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 Appendix I - 1 Drill locations and survey 

Appendix I: Drillhole positioning and survey 

PATTERNS OF DRILLING AT KUCING LIAR 

All data collected for this research is derived from a pattern of diamond drilling intended to 

measure the Kucing Liar resource. The drilling is conducted from a single elevation from a level 

expressly excavated for purpose of exploration. Excavations spaced at 50m intervals along this 

drive were completed for drilling stations, of which 16 were originally completed spaced 100m 

apart covering 1,500 metres of regional stratigraphic strike (Chapter 1). Only these drill holes are 

included in this research program. Later infill drilling was conducted in the centre of deposit to 

confirm continuity of the resource at a distance of 50m. The data collected from these holes was 

found to correlate well with the data collected on 100m spacing. Drilling was conducted along an 

azimuth of 39-219°, which is perpendicular to the regional strike of stratigraphy. The drill stations 

are labelled with the prefix KL, followed by the station number and a number exclusive to each 

hole (eg. KL16-03, KL32-04). The dip and azimuth of each drill hole have been surveyed every 

3m on average and this data has been used to position each sample interval. The layout of all 

holes drilled from each station is illustrated in Chapter 1. Collar positions and orientation at start 

of hole for all drilling is recorded in Table I-1. A file of downhole survey data is provided in 

digitial format. 

TABLES OF DRILL HOLE LOCATIONS AND DIRECTIONS 

The northing, easting and elevation of the collar location of each drillhole examined for the 

research program plus the total depth of the drillhole and the planned azimuth and dip of each are 

included in the following table. The downhole survey information including dip and dip direction 

were measured at regular 3m intervals for each hole and the records are presented in the digital 

file drillholes.xls along with all collar information. 



 Appendix I - 2 Drill locations and survey 

Table I-1 Drill hole locations and orientations at collar 

Hole Northing(m) Easting(m) Elevation(m) Depth(m) Azimuth(°) Dip(°) 

KL16-01 9549813.741 734889.575 3028.321 489.0 219.98 -86.75 
KL16-02 9549813.760 734889.375 3028.431 180.0 220.07 -71.26 
KL16-03 9549814.009 734889.004 3028.781 191.5 219.76 -41.14 
KL16-04 9549813.381 734889.537 3031.321 191.2 219.18 33.60 
KL16-05 9549814.001 734889.625 3032.851 218.2 219.21 51.58 
KL16-06 9549817.646 734893.129 3028.301 1051.2 38.94 -86.51 
KL16-07 9549814.275 734892.804 3028.251 678.4 38.83 -76.94 
KL16-08 9549817.006 734893.361 3028.371 380.3 49.83 -67.16 
KL16-09 9549817.147 734893.800 3028.091 614.6 45.12 -46.36 
KL18-01 9549959.832 734843.019 3032.681 330.5 161.66 -84.32 
KL18-02 9549962.490 734841.636 3031.191 323.5 218.15 -65.79 
KL18-03 9549960.109 734841.878 3030.421 235.0 217.26 -36.27 
KL18-04 9549959.910 734841.900 3030.991 216.2 212.88 -19.72 
KL18-05 9549959.791 734841.849 3031.461 227.0 212.32 2.60 
KL18-06 9549961.259 734840.956 3034.041 326.3 215.55 34.11 
KL18-07 9549967.538 734847.728 3030.101 407.0 35.81 -75.89 
KL18-08 9549966.721 734848.099 3030.101 525.7 35.78 -59.41 
KL18-09 9549961.662 734843.067 3035.091 431.2 217.70 49.47 
KL18-10 9549966.696 734846.009 3030.211 885.0 42.76 -48.18 
KL20-01 9550107.647 734806.450 3031.711 416.6 220.93 -83.24 
KL20-02 9550107.518 734806.480 3031.611 377.5 220.84 -71.05 
KL20-03 9550107.239 734806.230 3033.651 538.0 220.30 -54.65 
KL20-04 9550106.816 734805.812 3031.711 501.7 219.87 -40.06 
KL20-05 9550106.488 734805.552 3032.121 433.5 219.01 -27.94 
KL20-06 9550106.716 734805.772 3033.011 409.5 218.85 -8.25 
KL20-07 9550110.971 734809.166 3031.651 389.4 36.49 -82.65 
KL20-08 9550110.971 734809.166 3031.651 468.3 36.49 -82.65 
KL20-09 9550111.482 734809.484 3032.011 645.2 36.33 -63.64 
KL22-01 9550228.113 734796.102 3033.541 511.0 37.92 -84.00 
KL22-02 9550228.263 734796.141 3032.051 549.0 36.74 -75.68 
KL22-03 9550224.087 734792.348 3032.071 505.0 221.49 -85.04 
KL22-04 9550223.946 734792.147 3032.101 600.0 219.18 -75.23 
KL22-05 9550223.997 734792.138 3032.151 871.6 220.26 -60.09 
KL22-06 9550223.256 734791.599 3032.781 584.9 220.76 -45.54 
KL22-07 9550222.415 734790.820 3032.481 436.3 221.49 -28.77 
KL22-08 9550222.025 734790.641 3032.701 360.1 220.10 -14.45 
KL22-09 9550222.105 734790.551 3035.931 419.2 220.01 1.42 
KL22-10 9550222.003 734789.621 3035.611 295.0 37.92 -59.00 
KL24-01 9550229.701 734646.200 3047.111 506.8 220.96 -84.53 
KL24-02 9550229.142 734646.560 3047.411 460.0 219.09 -69.17 
KL24-03 9550229.103 734646.461 3047.431 904.0 219.57 -58.09 
KL24-04 9550231.397 734644.007 3048.201 914.7 267.52 -19.13 
KL24-05 9550229.869 734646.103 3047.261 373.0 220.84 -40.58 
KL24-06 9550229.441 734645.610 3048.071 374.5 220.29 -18.00 
KL24-07 9550229.091 734645.591 3048.231 349.6 222.84 -2.59 
KL24-08 9550229.080 734645.742 3048.961 388.0 221.76 13.74 
KL24-09 9550229.070 734645.881 3050.151 577.7 216.96 27.20 
KL24-10 9550233.678 734648.263 3046.897 684.0 45.79 -76.15 
KL24-11 9550233.787 734648.504 3046.898 651.5 44.80 -59.63 



 Appendix I - 3 Drill locations and survey 

Table I-1 Drill hole locations and orientations at collar (cont.) 

Hole Northing(m) Easting(m) Elevation(m) Depth(m) Azimuth(°) Dip(°) 

KL26-01 9550269.782 734550.989 3049.071 498.3 218.54 -46.45 
KL26-02 9550270.112 734551.433 3049.502 993.0 218.46 -62.77 
KL26-03 9550270.551 734551.328 3048.931 775.1 218.45 -80.01 
KL26-04 9550269.910 734550.761 3049.241 485.4 218.37 -35.00 
KL26-05 9550269.939 734550.829 3050.371 436.6 217.21 1.99 
KL26-06 9550273.284 734553.405 3049.121 364.2 38.37 -80.10 
KL26-07 9550273.240 734553.365 3049.504 205.0 39.62 -81.18 
KL26-08 9550272.695 734553.177 3048.745 689.8 39.44 -81.43 
KL26-09 9550269.914 734550.665 3050.787 418.1 219.43 -19.00 
KL26-10 9550269.989 734550.723 3050.903 450.0 219.21 12.59 
KL26-11 9550487.452 734723.680 3036.141 451.2 198.96 -84.72 
KL28-01 9550312.035 734455.568 3052.921 824.9 217.68 -42.90 
KL28-02 9550312.010 734455.517 3053.751 658.4 218.02 -28.00 
KL28-03 9550312.071 734455.558 3053.491 433.0 217.65 -9.11 
KL28-04 9550312.280 734455.757 3052.391 855.0 216.18 -59.18 
KL28-05 9550311.892 734455.664 3052.226 843.0 219.76 -75.20 
KL28-06 9550323.336 734462.120 3052.880 636.0 38.42 -83.00 
KL28-07 9550316.301 734458.906 3052.012 738.0 38.79 -70.10 
KL28-08 9550318.642 734460.509 3054.545 1024.0 37.79 -59.40 
KL28-09 9550567.512 734703.391 3037.011 501.2 221.91 -86.03 
KL30-01 9550353.585 734359.660 3053.975 840.0 221.21 -44.04 
KL30-02 9550353.429 734359.946 3054.291 459.3 217.65 -27.01 
KL30-03 9550353.288 734359.837 3054.171 486.9 217.29 -13.00 
KL30-04 9550353.609 734360.137 3055.161 439.0 217.21 2.75 
KL30-05 9550353.940 734360.946 3053.921 768.0 217.43 -70.80 
KL30-06 9550353.976 734361.035 3053.861 798.0 219.02 -84.05 
KL30-07 9550353.454 734360.490 3055.440 419.5 217.85 17.60 
KL30-08 9550357.930 734363.250 3053.444 926.8 40.49 -74.15 
KL30-09 9550761.610 734658.073 3038.385 557.5 220.68 -61.26 
KL32-01 9550397.896 734263.800 3056.281 315.8 219.52 0.97 
KL32-02 9550396.083 734268.552 3057.171 416.0 219.32 -22.22 
KL32-03 9550396.079 734268.551 3056.252 601.0 219.01 -37.30 
KL32-04 9550396.214 734268.647 3056.133 693.0 219.62 -63.24 
KL32-05 9550396.560 734268.873 3056.061 775.7 220.29 -75.00 
KL32-06 9550395.990 734268.415 3058.465 438.0 218.85 17.75 
KL32-07 9550399.112 734270.984 3056.132 819.0 38.67 -87.71 
KL32-08 9550402.130 734271.902 3056.220 992.8 40.42 -60.41 
KL32-09 9550403.469 734272.845 3056.034 611.5 37.42 -28.11 
KL32-10 9550396.510 734268.068 3060.214 518.5 216.95 40.07 
KL32-11 9550401.303 734271.546 3052.740 476.7 36.17 -71.77 
KL34-01 9550436.237 734172.427 3059.652 567.7 218.24 -0.33 
KL34-02 9550436.351 734172.575 3056.298 733.7 217.26 -43.97 
KL34-03 9550436.837 734172.819 3058.163 734.7 218.84 -75.00 
KL34-04 9550437.051 734172.845 3058.207 734.7 218.35 -88.83 
KL34-05 9550436.526 734172.651 3058.145 809.5 218.90 -64.27 
KL34-06 9550436.300 734172.573 3058.585 665.8 217.40 -31.70 
KL34-07 9550436.254 734172.423 3059.138 518.7 217.04 -15.33 
KL34-08 9550440.912 734176.740 3058.037 526.2 38.01 -74.40 
KL34-09 9550441.669 734177.340 3058.071 1229.4 42.40 -45.73 
KL34-10 9550449.590 734190.851 3057.972 425.7 39.42 -60.63 



 Appendix I - 4 Drill locations and survey 

Table I-1 Drill hole locations and orientations at collar (cont.) 

Hole Northing(m) Easting(m) Elevation(m) Depth(m) Azimuth(°) Dip(°) 

KL36-01 9550481.311 734077.303 3062.268 371.4 218.29 0.28 
KL36-02 9550481.614 734077.516 3060.802 473.5 218.13 -45.06 
KL36-03 9550481.854 734077.868 3060.538 762.8 218.79 -63.88 
KL36-04 9550481.578 734077.664 3064.063 563.0 216.70 30.02 
KL36-05 9550482.144 734078.029 3060.724 781.5 217.85 -87.89 
KL36-06 9550485.406 734081.243 3060.486 1045.5 37.94 -59.64 
KL36-07 9550486.832 734082.349 3057.296 474.6 38.31 -29.88 
KL36-08 9550485.546 734081.040 3060.396 400.0 31.18 -75.21 
KL38-01 9550525.144 733978.280 3064.627 621.4 275.11 2.02 
KL38-02 9550521.528 733977.557 3064.611 242.8 218.38 0.26 
KL38-03 9550521.960 733978.102 3063.688 456.5 217.79 -44.04 
KL38-04 9550521.960 733978.102 3063.688 488.5 217.79 -44.04 
KL38-05 9550522.616 733978.537 3063.453 1031.7 220.02 -61.03 
KL38-06 9550522.484 733978.354 3063.180 497.3 218.76 -87.40 
KL38-07 9550527.017 733982.569 3060.518 312.0 31.94 -75.13 
KL38-08 9550527.017 733982.569 3060.518 599.0 31.94 -75.13 
KL40-01 9550561.244 733889.032 3065.113 230.5 217.99 -14.50 
KL40-02 9550561.770 733889.444 3064.489 594.4 217.02 -45.13 
KL40-03 9550562.286 733889.762 3064.313 932.5 223.05 -74.07 
KL40-04 9550567.038 733892.881 3064.020 809.1 37.76 -60.88 
KL40-05 9550567.969 733893.569 3064.021 677.7 37.13 -29.90 
KL40-06 9550566.640 733892.513 3064.045 808.6 31.67 -86.40 
KL40-07 9550561.867 733885.429 3064.158 909.6 217.66 -60.69 
KL40-08 9550561.405 733885.043 3064.624 495.0 218.59 -32.94 
KL40-09 9550566.542 733888.755 3064.064 782.7 36.99 -74.65 
KL42-01 9550601.985 733794.661 3068.424 343.5 219.12 -1.88 
KL42-02 9550602.071 733794.761 3068.385 830.5 218.51 -59.68 
KL42-03 9550602.863 733795.434 3067.798 1139.5 216.82 -86.40 
KL42-04 9550602.038 733794.706 3066.566 365.7 219.10 -28.45 
KL42-05 9550607.214 733798.695 3068.799 629.0 41.69 -76.50 
KL42-06 9550608.212 733799.492 3067.069 774.3 38.24 -45.27 
KL42-07 9550603.471 733795.006 3067.493 590.6 220.37 -45.67 
KL42-08 9550603.186 733795.897 3069.831 407.6 218.52 35.76 
KL42-09 9550607.351 733798.837 3066.883 820.6 37.90 -60.25 
KL42-10 9550608.592 733799.823 3066.898 713.3 37.53 -30.01 
KL44-01 9550641.470 733696.921 3069.323 208.0 220.94 -14.99 
KL44-02 9550641.883 733697.256 3068.712 866.9 221.12 -44.70 
KL44-03 9550642.366 733697.601 3068.842 956.8 223.63 -74.64 
KL44-04 9550649.744 733703.680 3067.937 955.6 38.17 -60.10 
KL44-05 9550651.092 733704.969 3067.880 778.6 42.58 -29.39 
KL44-06 9550649.419 733703.417 3068.055 842.5 40.56 -85.83 
KL44-07 9550642.850 733697.607 3068.338 638.4 222.32 -56.82 
KL44-08 9550641.875 733697.170 3067.921 556.6 221.40 -30.16 
KL44-09 9550642.595 733698.057 3069.194 935.5 216.86 -84.79 
KL44-10 9550647.286 733701.953 3068.120 824.0 40.22 -74.35 
KL46-01 9550686.196 733606.192 3069.878 951.0 219.68 -85.71 
KL46-02 9550685.310 733605.495 3070.160 665.5 219.24 -59.10 
KL46-03 9550685.308 733605.442 3069.909 565.8 218.10 -30.71 
KL46-04 9550692.455 733611.051 3069.788 954.5 38.76 -74.75 
KL46-05 9550693.162 733611.613 3069.791 827.1 37.10 -44.88 

 



 Appendix II - 1 Staining carbonate rocks 

Appendix II – Thin section staining procedure 

STAINING PROCEDURE 

• A thin section was prepared of each rock sample without a cover slip. 

• Two solutions were prepared: 

- Solution A: Alizarin Red S, concentration of 0.2g/100mL of 1.5% HCl 

- Solution B: Potassium ferricyanide, concentration of 2g/100mL 1.5% HCl 

• The solutions A and B were mixed in the proportions of 3 parts by volume of A to 2 parts 

of B. 

• One half of each thin section was immersed in the mixture of solutions for 30-45 seconds, 

gently agitated for part of the time to remove gas bubbles from the surface. 

• Each thin section was then washed in running water for a few seconds and allowed to dry. 

• A cover slip was placed over each thin section. 



 Appendix III - 1 SEM analysis 

Appendix III – SEM analysis 

RESULTS AND STOICHIOMETRIC CALCULATION 

Total iron was determined as Fe
2+

 and Fe
3+

 has been calculated using the methods of Deer et al., 

(1969) and Droop (1987) to determine the andradite component. The formula used is: 

F = 2X.(1-T/S) 

Where F is the number of Fe
3+

 ions per X number of oxygen ions, T is the ideal number of cations 

per unit formula and S is the cation total obtained when all iron is assumed to be Fe
2+

. 

A problem was encountered in some garnets with very high Fe
3+

 values producing negative 

grossular norms. Analyses of green garnet from sample KL26-8 385.4m gave high negative 

values of almandine, which have low total Fe analyses (~4%) and low totals. Calculation of 

analyses of red garnet (matrix alteration) from the same sample did not give any problems. In the 

case of negative grossular norms, it is clearly established that all of the iron present is trivalent 

and so the grossular content was assigned to zero and the remaining compositions were 

renormalised without grossular. In the case of negative almandine calculations, the garnet 

composition was calculated assuming all iron is present in divalent form, negating the 

recalculation of Fe
3+

. However it was found that these compositions calculated for the green 

garnets in sample KL26-8 385.4m do not have correct totals of trivalent and divalent ions and so 

are not presented with other data. 



 Appendix IV - 1 Visual logging database 

Appendix IV – Mineral abundances logging 

DRILLING DATABASE 

Estimation of mineral abundances 

Abundances of each recognisable mineral phase have been estimated from hand samples 

representative of all assay intervals from the Kucing Liar drilling. In many cases, the estimation is 

of a single mineral, but in some instances, it is the abundance of an assemblage of minerals. 

Problems were encountered in maintaining consistent identification of humite, serpentine, clay 

and calcite. Each of these is likely to be underestimated in the log sheets. In addition, the 

representation of quartz veins is not believed to be precise as they are discrete and widely spaced 

and as such inclusion in the skeleton core samples is not as reliable as for minerals. As the large 

majority of interval lengths are a single length (Figure IV-1), the estimated percentages are 

assumed to have equal weight for calculations. As the drill core is not oriented no structural 

information such as fracture or slickensides orientations have been recorded. 

 

Figure IV-1 Assay interval lengths  

All estimations of mineral abundances were confined to the assay interval length to provide direct 

comparisons. 



 Appendix IV - 2 Visual logging database 

Database fields 

A digital file of the Kucing Liar drillhole logs that includes estimated mineral abundances for 

each sample interval of every drillhole in the Kucing Liar delineation program is included on 

compact disc (CD) media. 

Table V-1 Fields and descriptions present in drilling database 

Hole Drill hole identifier 

From Top depth of drill interval 

To Bottom depth of drill interval 

Unit Lithological unit name 

Lith Original rock type (dolomite, limestone, sandstone, shale, porphyry) 

cc-mg Percentage marble + calcite alteration + spotty magnetite 

Pyx Percentage pyroxene alteration/infill 

Gnt Percentage garnet alteration/infill 

Hmfo Percentage humite alteration/infill 

Phl Percentage phlogopite alteration/infill 

Kfs Percentage K-feldspar alteration/infill 

Bio Percentage biotite alteration/infill 

Qvn Quartz vein intensity (1-5) 

Mnt Percentage magnetite alteration/infill 

Amp Percentage amphibole alteration/infill 

Anh Percentage anhydrite alteration/infill 

qtz Percentage silica alteration/infill 

Clay Percentage clay (unidentifiable) + talc + muscovite 

Fnpy Percentage fine pyrite alteration/infill 

Cspy Percentage coarse pyrite alteration/infill 

Pyrh Percentage pyrrhotite alteration/infill 

Cpy Percentage chalcopyrite alteration/infill 

Cov Percentage covellite alteration/infill 

Moly Percentage molybdenum alteration/infill 

Glsp Percentage galena-sphalerite alteration/infill 

Hem Percentage haematite alteration/infill 

Ser Percentage serpentine alteration/infill 

 



Appendix V - 1 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-01 0 3 0.84 8400 0.62 5.6 104 45 34 500 0.01 12 1.6 2.8 24 0.01
KL16-01 3 6.5 0.51 5100 0.56 0.6 115 42 12 216 0.01 10 3 6.2 27 0.01
KL16-01 6.5 9 1.92 19200 2.11 2.7 188 32 17 254 0.01 14 0.3 23.3 26 0.01
KL16-01 9 12 0.825 8250 1.42 0.7 65 14 11 62 1 10 0.01 8.8 18 0.01
KL16-01 12 15 0.83 8300 0.97 0.9 47 18 87 51 0.01 12 7.2 9.0 23 0.01
KL16-01 15 18 0.48 4800 0.48 0.8 190 45 47 1190 0.01 15 1 11.0 29 0.01
KL16-01 18 23.4 0.6 6000 0.51 1.1 162 63 25 810 0.01 11 1 10.4 51 0.01
KL16-01 23.4 26 0.43 4300 0.68 1.1 239 86 23 360 0.01 11 0.5 6.1 46 0.01
KL16-01 26 28.3 0.4 4000 0.41 0.9 290 179 13 950 0.01 6 0.4 8.0 21 0.01
KL16-01 28.3 31.5 0.49 4900 0.7 0.8 167 34 12 1460 0.01 9 0.2 7.2 29 0.01
KL16-01 31.5 33 0.95 9500 0.84 1.2 299 27 21 40 2 16 0.4 29.5 35 0.01
KL16-01 33 36 0.81 8100 0.94 1.5 7200 52 15 41 4 26 0.5 21.6 20 0.01
KL16-01 36 39 0.54 5400 1.08 2.7 4320 97 15 6 8 29 0.9 33.8 23 0.01
KL16-01 39 42 1.43 14300 1.42 2.7 6000 68 19 4 1 24 0.8 65.0 35 0.01
KL16-01 42 45 0.47 4700 1.9 2.1 4300 53 12 7 1 12 0.4 36.4 26 0.01
KL16-01 45 48 0.36 3600 0.42 1.5 12300 70 11 3 1 28 0.6 38.0 25 0.01
KL16-01 48 51 0.81 8100 0.79 2.1 6800 45 15 6 0.01 30 0.4 18.2 17 0.01
KL16-01 51 54 0.34 3400 1.2 1.9 13800 29 17 29 0.01 15 0.3 45.0 21 0.01
KL16-01 54 55.6 0.35 3500 0.93 1.6 4050 54 9 5 2 31 0.6 48.0 28 0.01
KL16-01 55.6 57.7 0.3 3000 1.17 1.8 33100 55 12 6 1 39 0.4 12.6 32 0.01
KL16-01 57.7 60.6 0.105 1050 0.13 0.01 680 16 1 29 0.01 11 0.3 9.6 17 0.01
KL16-01 60.6 61.7 1.21 12100 0.78 1.9 630 25 2 125 0.01 38 0.2 43.2 38 0.01
KL16-01 61.7 65 0.52 5200 0.49 1 510 24 0.01 260 0.01 30 0.5 15.4 29 0.01
KL16-01 65 67.7 2.97 29700 1.47 4.1 470 34 4 320 1 56 0.5 15.0 58 0.01
KL16-01 67.7 70.8 4.05 40500 1.63 6.5 11400 760 5 850 12 44 0.4 12.0 76 0.01
KL16-01 70.8 73.3 0.54 5400 0.51 2.1 223 101 3 740 1 18 0.3 5.0 61 0.01
KL16-01 73.3 76 1.23 12300 0.44 2.6 36 27 4 250 0.01 14 0.2 4.0 74 0.01
KL16-01 76 79 1.5 15000 0.86 6 95 47 20 1030 2 16 0.2 8.0 78 0.17
KL16-01 79 81 1.26 12600 1.3 3.3 65 37 5 200 1 15 1 5.0 118 0.01
KL16-01 81 84 1.55 15500 2.24 2.2 83 15 2 108 5 15 0.4 8.0 104 0.01
KL16-01 84 87 1.26 12600 0.52 4.3 25 13 3 30 1 10 0.01 8.5 117 0.01
KL16-01 87 90 1.19 11900 1.9 3 26 26 3 30 1 13 0.4 4.0 98 0.01
KL16-01 90 93 2.18 21800 2.73 4.2 91 20 13 34 1 15 0.5 5.0 115 0.11
KL16-01 93 96 1.43 14300 0.46 2.3 62 54 9 74 2 11 0.3 16.0 128 0.01
KL16-01 96 99 1.44 14400 0.36 2.7 44 69 35 39 1 10 1.4 4.5 115 0.01
KL16-01 99 102 1.81 18100 0.39 3 36 45 5 62 2 10 0.3 9.0 138 0.11
KL16-01 102 105 1.11 11100 0.43 2.4 24 11 13 91 1 10 0.5 10.0 115 0.01
KL16-01 105 108 1.13 11300 0.61 2.1 32 17 19 97 1 16 0.8 9.3 73 0.01
KL16-01 108 111 1.15 11500 0.59 2.6 50 12 14 133 2 13 0.4 17.8 65 0.01
KL16-01 111 114 1.47 14700 0.64 3.1 41 10 25 224 2 14 0.5 13.0 54 0.01
KL16-01 114 117 2.1 21000 0.73 3.1 32 10 95 145 3 14 1.2 18.0 53 0.01
KL16-01 117 120 2.28 22800 1.53 4.9 110 15 85 590 2 11 0.6 20.0 46 0.01
KL16-01 120 123 2.2 22000 3.43 3.6 56 18 73 930 1 18 0.9 26.0 70 0.1
KL16-01 123 126 1.58 15800 0.9 2.4 52 18 59 135 3 16 0.6 10.0 54 0.01
KL16-01 126 129 1.66 16600 0.57 2.5 57 30 100 273 4 11 0.8 12.0 52 0.01
KL16-01 129 132 3.78 37800 2.94 7.2 65 38 280 363 6 15 1.5 19.0 62 0.01
KL16-01 132 135 8.2 82000 5.62 13.8 36 17 300 190 3 8 0.8 34.0 50 0.14
KL16-01 135 138 3.56 35600 3.83 7.8 78 52 78 207 70 16 0.3 18.5 80 0.01
KL16-01 138 141 5.01 50100 4.82 11.5 197 50 74 177 7 21 0.4 11.0 78 0.01
KL16-01 141 144 11.6 116000 13 19.5 167 30 150 108 49 14 1.7 12.5 85 0.01
KL16-01 144 147 5.92 59200 5.14 8.3 149 18 130 189 580 31 1.6 24.0 102 0.1
KL16-01 147 148.7 13.4 134000 4.84 26.4 257 34 130 28 2 16 1.7 30.0 80 0.1
KL16-01 148.7 150.6 11.8 118000 4.76 4.3 265 15 220 19 4 64 1.5 90.0 62 0.01
KL16-01 150.6 152.7 6.01 60100 2.26 7 113 10 180 20 2 24 2 56.0 80 0.01
KL16-01 152.7 155.7 16.1 161000 20.8 1.6 341 14 25 88 8 76 0.01 45.0 51 0.01
KL16-01 155.7 157.2 2.87 28700 1.82 0.8 98 20 16 107 2 17 0.01 11.0 86 0.01
KL16-01 157.2 159 1.1 11000 2.95 0.6 205 25 15 16 5 42 0.2 8.5 32 0.01
KL16-01 159 161.8 1.39 13900 1.29 0.6 162 27 4 19 1 38 0.7 12.0 40 0.01
KL16-01 161.8 163.7 2.11 21100 1.02 1.3 57 24 12 44 1 28 0.5 7.0 70 0.01
KL16-01 163.7 166 11.7 117000 3.93 5.2 312 32 45 86 2 88 1.7 55.0 63 0.01
KL16-01 166 168 2.92 29200 2.47 1.7 120 24 4 33 2 45 0.01 9.0 34 0.01
KL16-01 168 169 0.95 9500 0.63 0.01 80 31 5 45 1 43 1.6 4.0 45 0.01
KL16-01 169 172.8 10.4 104000 2.61 19.1 4250 100 55 127 87 160 0.5 62.5 65 0.01



Appendix V - 2 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-01 172.8 175.2 2.8 28000 4.67 16.2 11900 127 22 42 123 161 0.4 36.0 107 0.01
KL16-01 175.2 177 1 10000 7.08 6.4 3300 78 6 9 380 67 0.01 13.5 55 0.01
KL16-01 177 180 1.01 10100 4.8 10.3 4000 13 1 8 16 64 0.01 9.5 30 0.01
KL16-01 180 183 3.17 31700 3.4 6.8 840 27 29 20 4 227 0.9 29.0 38 0.01
KL16-01 183 186 1.29 12900 1.8 2.7 420 21 22 190 10 123 1 20.5 57 0.01
KL16-01 186 189 0.54 5400 4.52 3.1 1410 17 21 8 41 46 0.01 4.8 60 0.01
KL16-01 189 192 0.67 6700 0.77 3.2 540 15 7 4 11 90 0.3 9.2 54 0.01
KL16-01 192 195 1.06 10600 2.04 3.6 1000 24 3 52 4 49 0.01 7.5 50 0.01
KL16-01 195 198 1.39 13900 3.22 6.4 4100 25 3 19 4 55 0.01 5.0 27 0.01
KL16-01 198 201 0.62 6200 1.56 2.4 1680 29 11 22 5 81 0.01 12.4 30 0.01
KL16-01 201 204 3.16 31600 4.14 6 3000 96 12 470 6 65 2.1 19.0 39 0.01
KL16-01 204 207 4.56 45600 4.56 7.3 490 35 11 228 2 100 0.3 16.0 58 0.01
KL16-01 207 210 5.98 59800 3.79 9.1 1030 1520 7 43 0.01 92 0.01 11.0 30 0.01
KL16-01 210 212 4 40000 4.76 4.2 201 14 110 430 0.01 51 0.5 4.0 39 0.01
KL16-01 212 213.5 1.11 11100 1.31 1 114 10 24 19 0.01 25 0.2 6.0 48 0.01
KL16-01 213.5 215.5 0.49 4900 0.7 0.8 76 13 46 18 0.01 16 0.01 4.8 47 0.01
KL16-01 215.5 217.1 0.61 6100 0.67 1 102 14 28 19 0.01 13 0.01 2.0 30 0.01
KL16-01 217.1 219 3.1 31000 3.56 4.7 284 15 8 47 1 68 0.01 10.5 54 0.01
KL16-01 219 222 1.97 19700 2.08 3.6 164 11 27 36 0.01 41 0.3 12.5 58 0.01
KL16-01 222 225 2.57 25700 4.66 10.5 384 10 4 56 2 76 0.01 8.0 60 0.01
KL16-01 225 228 1.2 12000 1.16 2.6 140 9 0.01 86 0.01 42 0.01 5.5 40 0.01
KL16-01 228 230.7 2.63 26300 3.71 4.3 260 11 2 37 0.01 50 0.01 8.0 38 0.01
KL16-01 230.7 233.7 5.92 59200 3.89 9.3 286 16 1 160 0.01 79 0.2 11.0 46 0.01
KL16-01 233.7 236 4.2 42000 4.98 8 2700 22 5 160 0.01 121 0.01 14.5 47 0.01
KL16-01 236 239 1.62 16200 1.88 2.5 321 20 7 151 0.01 43 0.2 9.0 53 0.01
KL16-01 239 242 1.4 14000 2.43 2.9 141 34 5 129 0.01 37 0.6 7.0 106 0.01
KL16-01 242 245 3.87 38700 3.68 5.4 348 31 19 216 0.01 69 0.5 6.0 62 0.01
KL16-01 245 246.8 1.84 18400 2.94 3.2 156 65 9 80 0.01 56 1.6 9.0 50 0.01
KL16-01 246.8 249 1.6 16000 1.57 5.8 282 160 25 236 0.01 53 0.9 15.0 47 0.01
KL16-01 249 252 1.95 19500 1.87 8.2 740 279 34 920 1 84 1.4 27.0 52 0.01
KL16-01 252 255 0.88 8800 1.49 4.2 309 100 29 33 0.01 34 0.7 48.5 46 0.01
KL16-01 255 258 1 10000 1.28 3.4 202 119 28 39 2 38 0.4 59.0 65 0.01
KL16-01 258 261.1 0.75 7500 0.83 2.8 142 70 76 82 1 35 0.4 27.4 45 0.01
KL16-01 261.1 264 0.73 7300 2.63 3.2 369 146 120 15 3 21 0.7 10.4 36 0.01
KL16-01 264 267 0.5 5000 3.59 2.5 327 147 68 6 6 18 0.7 8.4 36 0.01
KL16-01 267 270 1.42 14200 3.79 4.3 63 64 110 19 1 26 0.5 9.5 46 0.01
KL16-01 270 271.7 1.11 11100 2.55 3.3 52 50 63 38 1 61 0.6 33.5 50 0.01
KL16-01 271.7 274.7 0.68 6800 1.07 2.5 102 20 4 27 0.01 94 0.4 7.2 32 0.01
KL16-01 274.7 279 1 10000 0.68 2 99 10 2 18 0.01 58 0.2 4.5 20 0.01
KL16-01 279 281.9 0.82 8200 0.72 2.2 213 68 5 11 0.01 32 0.5 5.4 45 0.01
KL16-01 281.9 285 0.56 5600 1.32 1.3 97 40 180 6 1 33 0.7 11.8 50 0.01
KL16-01 285 288 0.94 9400 1.3 2.6 37 21 110 20 0.01 23 0.5 6.5 50 0.01
KL16-01 288 291 3.66 36600 4.5 11.3 172 60 50 49 0.01 55 0.4 16.0 57 0.01
KL16-01 291 293.8 0.88 8800 2.08 3.4 127 70 140 63 1 42 0.3 13.0 56 0.01
KL16-01 293.8 296.8 0.73 7300 1.52 2.1 107 100 130 21 2 32 0.6 4.8 66 0.01
KL16-01 296.8 298.6 1.95 19500 2.36 5.1 123 56 43 14 2 54 0.6 29.0 76 0.01
KL16-01 298.6 301.7 0.35 3500 1.14 1.3 66 65 160 21 2 21 0.4 32.0 89 0.01
KL16-01 301.7 304.3 0.33 3300 1.61 0.9 36 34 330 28 1 18 0.6 6.5 71 0.01
KL16-01 304.3 305.4 5.12 51200 7.04 14.7 154 57 23 19 2 73 0.9 21.0 85 0.01
KL16-01 305.4 307.5 0.86 8600 1.69 2.7 54 40 140 117 2 26 0.5 22.8 104 0.01
KL16-01 307.5 310 2.62 26200 2.83 7 6500 68 31 31 4 32 0.7 26.0 98 0.01
KL16-01 310 314.2 5.5 55000 4.92 9.4 620 108 18 73 15 27 1.4 24.0 75 0.01
KL16-01 314.2 317.3 1.17 11700 1.41 3.1 243 37 16 46 6 16 0.5 37.0 78 0.01
KL16-01 317.3 320.6 0.65 6500 1.35 3.1 450 29 22 2 70 7 0.5 67.0 69 0.01
KL16-01 320.6 323.7 0.35 3500 1 1.5 135 15 32 8 8 9 0.01 27.0 45 0.01
KL16-01 323.7 326.5 0.97 9700 1.24 2.9 194 12 28 25 3 9 0.01 21.0 55 0.01
KL16-01 326.5 330 1.32 13200 1.04 2.8 320 21 35 48 0.01 10 0.2 19.0 86 0.01
KL16-01 330 333 1.71 17100 1.25 3.2 3480 24 22 97 0.01 10 0.01 15.5 73 0.01
KL16-01 333 335.4 1.66 16600 1.63 3.2 12700 25 18 75 4 21 0.7 28.0 40 0.01
KL16-01 335.4 337.5 0.63 6300 4.75 1.4 800 20 89 22 2 7 0.4 7.4 67 0.01
KL16-01 337.5 340 0.195 1950 0.68 0.01 336 18 40 48 0.01 7 0.01 5.3 58 0.01
KL16-01 340 343 0.24 2400 2.07 0.01 55 18 29 168 0.01 8 0.3 6.0 68 0.01
KL16-01 343 345 0.146 1460 2.43 0.01 60 45 29 40 1 11 0.6 7.8 70 0.01



Appendix V - 3 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-01 345 348 0.82 8200 2.05 2.9 72 30 39 372 2 81 0.9 13.8 73 0.01
KL16-01 348 351 2.06 20600 2.28 8.5 160 20 26 138 2 94 1.2 20.0 61 0.01
KL16-01 351 354 0.82 8200 1.68 5.6 4700 1700 76 48 0.01 60 2.8 3.9 82 0.01
KL16-01 354 357 0.5 5000 4.32 6.1 27800 870 170 3 0.01 32 1.5 3.3 84 0.01
KL16-01 357 360 0.2 2000 0.95 1.8 3400 64 40 14 0.01 6 0.01 4.3 75 0.01
KL16-01 360 363 0.67 6700 1.15 5.1 164 38 44 22 0.01 28 1.4 21.2 61 0.01
KL16-01 363 366 0.84 8400 0.92 2.9 401 44 23 21 1 21 0.6 11.2 81 0.01
KL16-01 366 368 1.78 17800 2.08 6.8 185 90 32 19 3 33 1.2 38.0 48 0.01
KL16-01 368 369.6 1.66 16600 1.88 6.5 248 54 45 84 0.01 20 1.7 22.0 38 0.01
KL16-01 369.6 371 2.24 22400 2.39 6.6 142 37 280 81 5 40 1.3 28.0 61 0.01
KL16-01 371 373.2 1.09 10900 1.6 3 106 24 190 23 0.01 17 0.5 16.5 45 0.01
KL16-01 373.2 375 1.87 18700 1.77 1.4 170 14 28 42 0.01 22 0.3 29.0 30 0.01
KL16-01 375 378 0.83 8300 1.22 2.3 102 20 28 161 4 15 0.01 5.6 34 0.01
KL16-01 378 381 1.5 15000 1.82 2.8 140 20 59 74 9 12 0.2 21.0 36 0.01
KL16-01 381 384 1.5 15000 1.85 3.4 200 35 79 92 13 12 0.8 19.0 43 0.01
KL16-01 384 387 1.05 10500 1.22 2.8 143 37 47 78 7 13 0.01 20.0 32 0.01
KL16-01 387 390 1.62 16200 2.12 5.1 87 24 72 67 2 17 0.01 28.0 53 0.01
KL16-01 390 393 2.25 22500 2.62 2.8 250 25 26 50 5 62 1.2 48.0 80 0.01
KL16-01 393 396 1.08 10800 1.87 3 356 15 22 17 8 57 0.5 100.0 72 0.01
KL16-01 396 398.5 0.86 8600 2.36 2.9 2550 17 20 7 9 48 1.3 60.0 82 0.01
KL16-01 398.5 401.1 0.45 4500 1.33 1.1 1100 45 13 6 2 86 2.1 7.5 49 0.01
KL16-01 401.1 404.1 1.05 10500 1.46 2 630 25 4 85 0.01 60 0.3 27.5 21 0.01
KL16-01 404.1 406.5 0.2 2000 0.54 0.01 326 24 5 21 0.01 102 0.01 16.8 22 0.01
KL16-01 406.5 408.3 0.71 7100 1.23 1.2 314 31 4 530 0.01 125 0.01 13.4 32 0.01
KL16-01 408.3 411.3 0.75 7500 1.38 1.1 228 24 7 40 0.01 102 0.3 12.2 23 0.01
KL16-01 411.3 414.3 0.95 9500 1.48 1.1 263 25 8 100 0.01 82 0.3 15.6 35 0.01
KL16-01 414.3 417.2 2.2 22000 2.69 3.7 250 24 50 186 5 27 0.7 27.0 45 0.01
KL16-01 417.2 420 3.26 32600 2.57 7.2 200 14 63 286 3 31 0.6 32.0 48 0.01
KL16-01 420 421.5 2.05 20500 2.6 7.3 141 12 75 54 4 24 0.9 27.0 55 0.01
KL16-01 421.5 423.6 1.95 19500 1.88 3.1 373 12 210 114 1 27 4.1 31.0 44 0.01
KL16-01 423.6 426 0.158 1580 0.4 0.01 41 47 45 292 6 7 0.01 7.3 50 0.01
KL16-01 426 427.8 0.14 1400 0.36 1.3 1020 320 27 1100 4 8 3.3 5.4 43 0.01
KL16-01 427.8 430.4 0.0216 216 0.11 0.01 490 305 12 915 2 4 0.01 2.9 53 0.01
KL16-01 430.4 432.5 0.0283 283 0.08 0.7 1230 530 13 740 1 7 0.6 1.8 59 0.01
KL16-01 432.5 435 0.0326 326 0.05 0.01 214 94 3 118 0.01 6 0.01 1.3 116 0.01
KL16-01 435 438 0.0273 273 0.07 0.01 54 34 6 800 0.01 5 0.3 3.0 75 0.01
KL16-01 438 441 0.049 490 0.06 0.01 38 27 5 273 0.01 7 0.01 2.3 92 0.01
KL16-01 441 444 0.0374 374 0.04 0.01 174 26 8 199 0.01 5 0.01 2.0 95 0.01
KL16-01 444 446.4 0.0334 334 0.04 0.01 195 104 4 161 0.01 4 0.01 1.3 107 0.01
KL16-01 446.4 447.8 0.0126 126 0.02 0.01 34 36 9 64 2 6 0.01 1.2 58 0.01
KL16-01 447.8 450 0.0086 86 0.14 0.01 31 22 21 285 1 5 5.1 0.5 51 0.01
KL16-01 450 453 0.0051 51 0.01 0.01 530 250 10 136 0.01 3 0.3 0.0 50 0.01
KL16-01 453 456 0.0118 118 0.03 0.01 381 410 11 177 2 8 0.01 1.2 58 0.01
KL16-01 456 459 0.062 620 0.09 0.01 136 50 13 134 1 7 0.3 2.6 66 0.01
KL16-01 459 462 1.15 11500 0.61 3.5 178 28 28 15 1 74 0.7 4.0 53 0.01
KL16-01 462 468 0.99 9900 0.65 2.3 3300 120 89 150 0.01 25 0.5 13.5 43 0.01
KL16-01 468 477 0.072 720 0.05 0.01 114 21 8 9 0.01 7 0.01 1.7 14 0.01
KL16-01 477 480 0.0061 61 0.01 0.01 64 14 5 5 0.01 3 0.01 0.0 12 0.01
KL16-01 480 483 0.0064 64 0.01 0.01 116 27 6 6 0.01 4 0.5 0.6 14 0.01
KL16-01 483 489 0.002 20 0.01 0.01 39 21 3 6 0.01 2 0.01 0.0 17 0.01
KL16-02 0 2.9 0.62 6200 0.86 1.2 45 34 8 138 0.01 14 0.01 10.3 33 0.01
KL16-02 2.9 5.1 1.65 16500 1.08 1.7 52 30 19 178 0.01 20 0.01 18.0 27 0.01
KL16-02 5.1 7.4 0.93 9300 0.51 1.5 57 31 13 287 0.01 17 0.3 9.0 23 0.01
KL16-02 7.4 9.8 1.1 11000 0.57 1.1 45 32 27 156 0.01 16 0.2 15.5 20 0.01
KL16-02 9.8 11.9 0.79 7900 0.68 0.8 27 8 28 36 1 12 0.01 13.5 20 0.01
KL16-02 11.9 14.9 0.92 9200 1.08 1 94 14 39 342 0.01 10 0.01 10.0 22 0.01
KL16-02 14.9 17.9 1.57 15700 3.15 3 84 11 340 178 7 27 0.2 19.1 22 0.01
KL16-02 17.9 20.9 0.66 6600 1.24 0.9 104 13 30 630 0.01 16 0.3 9.8 34 0.01
KL16-02 20.9 23.9 0.422 4220 0.41 1.2 126 35 31 568 0.01 8 0.3 10.0 152 0.01
KL16-02 23.9 26.9 0.253 2530 0.36 1.1 121 14 14 545 0.01 11 0.4 5.8 106 0.01
KL16-02 26.9 29.9 0.352 3520 0.87 0.7 195 36 21 335 0.01 12 0.3 8.5 83 0.1
KL16-02 29.9 33 0.522 5220 0.72 1 225 44 27 1650 0.01 12 0.3 11.3 194 0.01
KL16-02 33 35.6 1.27 12700 2.43 4.1 4400 35 19 440 12 54 0.7 71.0 87 0.01



Appendix V - 4 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-02 35.6 37 1.77 17700 2.73 6.2 1570 16 4 9 7 53 0.9 30.5 37 0.01
KL16-02 37 38.9 0.141 1410 0.13 3.3 4320 103 4 8 8 6 0.01 17.5 18 0.01
KL16-02 38.9 41.9 0.475 4750 0.37 1.8 2250 46 9 82 3 15 0.01 10.0 42 0.01
KL16-02 41.9 44.9 0.1 1000 0.4 4.8 2400 780 9 5 25 4 0.01 18.8 27 0.01
KL16-02 44.9 47.4 0.41 4100 0.57 2.6 12200 95 20 90 13 12 0.3 37.3 29 0.01
KL16-02 47.4 49.4 0.7 7000 0.8 3.7 20400 61 18 13 10 30 0.3 70.0 57 0.01
KL16-02 49.4 52.4 0.288 2880 1.02 3.6 11400 139 24 8 20 16 0.01 46.8 36 0.01
KL16-02 52.4 55.4 0.504 5040 0.93 5.5 33700 470 21 5 24 28 0.01 73.8 50 0.01
KL16-02 55.4 57.5 0.73 7300 1.25 17.2 26700 3100 10 19 68 17 0.5 114.0 56 0.01
KL16-02 57.5 59.9 0.74 7400 0.71 3.6 1360 58 10 206 1 76 0.01 12.3 60 0.01
KL16-02 59.9 62.9 2.08 20800 1.2 4.4 373 45 7 274 1 52 0.01 21.3 83 0.01
KL16-02 62.9 65.4 1.13 11300 0.75 2.4 368 16 6 143 0.01 66 0.01 14.8 96 0.01
KL16-02 65.4 68.4 6.85 68500 4.34 15 1280 148 16 397 1 68 0.4 37.5 135 0.4
KL16-02 68.4 70.4 1.92 19200 0.57 4.5 530 268 20 215 1 24 1.1 11.4 44 0.13
KL16-02 70.4 73.4 1.03 10300 0.35 3 268 56 19 382 1 17 0.01 9.3 93 0.01
KL16-02 73.4 76.4 2.4 24000 1.1 6.9 59 36 4 465 1 20 0.2 15.2 102 0.13
KL16-02 76.4 79.4 1.83 18300 0.87 4.4 94 47 15 470 2 16 0.2 11.5 144 0.01
KL16-02 79.4 82.4 2.2 22000 0.87 4.6 117 40 3 350 2 17 0.01 22.5 67 0.01
KL16-02 82.4 85.4 2.39 23900 0.71 5.3 72 40 35 258 1 14 0.2 13.8 58 0.1
KL16-02 85.4 88.4 0.83 8300 0.32 2.5 61 11 14 495 0.01 20 0.2 9.7 78 0.01
KL16-02 88.4 91.4 1.65 16500 0.7 3.5 84 32 21 357 0.01 23 0.4 16.0 113 0.01
KL16-02 91.4 94.4 2.17 21700 3.48 4.1 54 49 21 5750 1 46 0.01 15.0 98 0.01
KL16-02 94.4 97.4 2.43 24300 1.13 1.9 55 27 10 918 0.01 45 0.2 20.6 122 0.01
KL16-02 97.4 100.4 1.49 14900 2.09 2.1 85 26 6 307 1 57 0.01 11.2 57 0.01
KL16-02 100.4 103.4 2.88 28800 2.17 3.8 203 43 24 197 0.01 62 0.01 20.0 136 0.01
KL16-02 103.4 106.4 1.95 19500 1.65 3.9 410 13 19 258 0.01 80 0.01 12.5 86 0.01
KL16-02 106.4 109.4 0.467 4670 0.48 1.5 1200 16 9 27 2 49 0.01 19.9 123 0.01
KL16-02 109.4 112.4 3.42 34200 0.96 11.5 143 14 8 5 8 38 0.01 5.0 21 0.01
KL16-02 112.4 115.4 2.07 20700 2.13 3.9 9200 20 20 48 0.01 119 0.5 52.5 100 0.01
KL16-02 115.4 118.4 0.154 1540 0.79 0.9 257 14 12 26 0.01 42 0.4 12.8 78 0.01
KL16-02 118.4 121.4 2.21 22100 0.93 5.5 4900 16 23 3 1 118 0.01 16.0 78 0.01
KL16-02 121.4 124.4 0.95 9500 2.52 2 790 41 53 3 0.01 49 0.7 37.1 61 0.01
KL16-02 124.4 125.9 5.2 52000 3.05 11.2 670 20 30 88 0.01 135 0.6 57.6 67 0.01
KL16-02 125.9 128.2 0.241 2410 0.96 1.5 1260 12 48 22 0.01 23 0.5 31.0 74 0.01
KL16-02 128.2 130.4 0.77 7700 1.17 2.9 34200 13 59 74 6 61 2.2 62.5 76 0.01
KL16-02 130.4 133.4 0.955 9550 0.96 2 24700 10 67 155 6 62 4.7 52.5 101 0.01
KL16-02 133.4 135.4 0.65 6500 0.91 3.3 19800 15 130 15 26 65 5.1 35.0 42 0.01
KL16-02 135.4 137.2 0.403 4030 0.69 2.9 1470 353 110 15 2 14 2.6 4.8 31 0.01
KL16-02 137.2 139.1 0.0206 206 0.14 1.5 790 1430 26 2 1 2 1.3 3.3 19 0.01
KL16-02 139.1 140.9 0.0305 305 0.1 1.4 760 620 15 0.01 0.01 3 2.1 1.3 21 0.01
KL16-02 140.9 143.9 0.0135 135 0.07 1.1 760 490 19 3 0.01 3 2.2 1.5 23 0.01
KL16-02 143.9 146.9 0.0189 189 0.1 1.2 860 660 15 10 0.01 2 4.1 0.8 22 0.01
KL16-02 146.9 149.9 0.0159 159 0.03 0.9 363 317 9 2 0.01 3 1.9 0.5 19 0.01
KL16-02 149.9 152.9 0.0065 65 0.01 2.7 500 1390 4 8 0.01 0.01 6.2 0.5 16 0.01
KL16-02 152.9 155.9 0.0064 64 0.01 0.01 135 29 4 0.01 0.01 0.01 0.01 0.5 20 0.01
KL16-02 155.9 158.9 0.011 110 0.01 0.01 63 20 1 0.01 0.01 17 0.01 0.0 16 0.01
KL16-02 158.9 161.9 0.0111 111 0.01 1 1220 820 6 5 0.01 4 3.3 2.3 19 0.01
KL16-03 0 5.5 0.72 7200 0.57 1.1 100 23 11 108 1 11 0.5 12.2 38 0.01
KL16-03 5.5 8.5 0.78 7800 0.81 1.4 106 27 8 149 1 11 0.3 9.1 12 0.01
KL16-03 8.5 11.5 0.75 7500 0.57 1.3 107 17 7 92 1 13 0.01 6.0 25 0.01
KL16-03 11.5 14.5 1.41 14100 1.54 2 88 32 7 54 0.01 16 0.01 14.5 15 0.01
KL16-03 14.5 17.5 0.471 4710 0.49 1 343 24 9 196 0.01 11 0.2 4.8 15 0.01
KL16-03 17.5 20.5 0.68 6800 0.68 1.2 324 68 110 113 1 11 0.2 3.0 14 0.01
KL16-03 20.5 23.5 0.98 9800 1.14 1.5 381 43 17 120 1 18 0.4 8.0 25 0.01
KL16-03 23.5 26 1.02 10200 1.24 1 147 68 38 118 1 20 0.6 28.7 30 0.01
KL16-03 26 32 1.25 12500 1.78 2.7 140 27 28 435 1 13 0.4 9.4 72 0.01
KL16-03 32 34.6 0.502 5020 0.86 1.1 1000 33 31 224 1 8 0.4 10.2 82 0.01
KL16-03 34.6 36.5 3.48 34800 0.62 5.1 1050 18 12 600 2 46 0.2 14.0 124 0.01
KL16-03 36.5 38.5 0.6 6000 0.87 0.8 700 10 6 22 1 25 0.01 13.0 28 0.01
KL16-03 38.5 41.5 0.65 6500 1 1.5 38500 50 16 54 5 87 1.6 74.5 79 0.01
KL16-03 41.5 43.6 0.49 4900 1.05 4.5 18700 50 36 7 14 52 5.6 35.5 39 0.01
KL16-03 43.6 46.4 0.051 510 0.11 4.8 2690 750 18 10 15 3 0.6 18.6 19 0.01
KL16-03 46.4 47.5 0.059 590 0.18 7.3 2300 390 16 25 13 4 1 15.8 37 0.01



Appendix V - 5 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-03 47.5 50.5 0.2 2000 0.25 3.9 4900 790 27 13 15 8 0.6 27.5 36 0.01
KL16-03 50.5 53.5 0.276 2760 0.31 10.8 4330 184 20 11 8 12 0.7 19.3 45 0.01
KL16-03 53.5 56.5 0.31 3100 1.07 10.3 12100 840 32 12 10 8 0.5 28.0 43 0.01
KL16-03 56.5 59.5 0.59 5900 4.6 12.9 63000 2450 35 11 60 42 0.01 86.3 70 0.01
KL16-03 59.5 62.5 0.97 9700 3.91 9.2 6300 106 54 22 18 20 0.6 64.4 175 0.01
KL16-03 62.5 65.5 1.91 19100 1.49 6.1 840 170 22 59 2 27 0.8 24.5 120 0.01
KL16-03 65.5 68.5 0.67 6700 0.62 19.3 19000 2300 35 225 32 27 1.2 50.0 73 0.01
KL16-03 68.5 71.5 0.59 5900 1.47 72.3 52400 18000 39 176 270 46 3.1 140.0 120 0.01
KL16-03 71.5 74.5 0.0206 206 0.2 5.9 1990 5400 33 5 8 3 1.7 16.1 11 0.01
KL16-03 74.5 77.5 0.0371 371 0.21 19.9 7500 8400 36 18 52 0.01 3.9 22.8 22 0.01
KL16-03 77.5 83.5 0.113 1130 0.31 31.2 12400 17600 89 12 94 8 5 72.3 33 0.01
KL16-03 83.5 86.5 0.131 1310 0.3 26.4 11100 14400 59 13 74 8 4.3 52.8 36 0.01
KL16-03 86.5 89.5 0.0063 63 0.19 1.6 1220 303 50 5 19 2 1.2 8.3 21 0.01
KL16-03 89.5 92.5 0.0042 42 0.17 1.6 570 185 38 10 11 2 1.1 2.5 15 0.01
KL16-03 92.5 95.5 0.0207 207 0.2 1.9 840 285 38 10 7 3 1.5 3.3 15 0.01
KL16-03 95.5 98.3 0.0262 262 0.15 6.9 4290 1590 33 0.01 16 4 5.8 6.8 38 0.01
KL16-03 98.3 100.7 0.168 1680 2.59 15.1 9800 1940 260 44 58 12 19.6 37.9 90 0.01
KL16-03 100.7 102.6 0.0075 75 0.21 0.01 272 41 26 2 2 2 1.2 2.4 22 0.01
KL16-03 102.6 104.5 0.0147 147 0.07 0.01 198 51 20 2 1 2 0.4 1.0 16 0.01
KL16-03 104.5 107.1 0.0067 67 0.05 0.01 175 110 27 0.01 1 3 0.9 0.9 14 0.01
KL16-03 107.1 110.2 0.0105 105 0.04 0.01 750 57 23 3 0.01 3 0.4 2.5 16 0.01
KL16-03 110.2 113.3 0.006 60 0.02 0.01 158 26 11 0.01 0.01 3 0.7 0.9 14 0.01
KL16-03 113.3 116.5 0.0017 17 0.02 0.01 53 23 9 0.01 0.01 0.01 0.3 0.7 14 0.01
KL16-03 116.5 117.9 0.0032 32 0.1 0.01 133 84 31 0.01 0.01 2 1.2 3.3 16 0.01
KL16-03 117.9 120.9 0.0092 92 0.04 0.01 118 35 16 0.01 0.01 0.01 0.8 0.6 15 0.01
KL16-03 120.9 124 0.0028 28 0.02 0.01 73 54 8 0.01 1 0.01 0.5 0.6 14 0.01
KL16-03 124 127 0.0004 4 0.01 0.01 210 57 10 0.01 0.01 0.01 0.8 0.7 13 0.01
KL16-03 127 130.1 0.0123 123 0.03 0.01 321 61 10 0.01 0.01 0.01 1.1 1.2 18 0.01
KL16-03 130.1 132.4 0.0006 6 0.04 0.01 294 119 7 0.01 0.01 0.01 1.1 2.3 16 0.01
KL16-03 132.4 134.5 0.0003 3 0.01 0.01 129 48 3 0.01 0.01 0.01 0.4 0.0 17 0.01
KL16-03 134.5 137.5 0.0004 4 0.01 0.01 124 72 3 0.01 0.01 0.01 0.4 0.0 13 0.01
KL16-03 137.5 140.5 0.0005 5 0.01 0.01 166 54 7 4 0.01 0.01 0.5 0.7 17 0.01
KL16-03 140.5 143.5 0.0008 8 0.02 0.01 317 100 7 9 0.01 0.01 0.6 2.1 18 0.01
KL16-03 143.5 146.5 0.0013 13 0.01 0.01 176 48 2 0.01 0.01 0.01 0.01 0.9 21 0.01
KL16-03 146.5 149.5 0.037 370 0.03 0.01 2050 38 4 0.01 40 4 0.5 2.6 13 0.01
KL16-03 149.5 152.5 0.0031 31 0.01 0.01 162 39 6 0.01 1 0.01 0.01 0.0 12 0.01
KL16-03 152.5 155.5 0.0004 4 0.01 0.01 111 20 0.01 0.01 0.01 0.01 0.4 0.0 12 0.01
KL16-03 155.5 158.5 0.004 40 0.01 0.01 500 161 6 0.01 0.01 3 0.9 0.7 11 0.01
KL16-03 158.5 161.5 0.0011 11 0.01 0.01 500 75 7 3 0.01 0.01 1.1 0.0 11 0.01
KL16-03 161.5 164.5 0.0038 38 0.01 0.01 335 45 14 15 1 0.01 0.3 1.0 12 0.01
KL16-03 164.5 167.5 0.0056 56 0.01 0.6 540 64 15 37 2 0.01 2 0.7 16 0.01
KL16-03 167.5 170.5 0.0296 296 0.01 0.01 356 34 7 69 1 4 1.1 1.4 13 0.01
KL16-03 170.5 173.5 0.0097 97 0.01 0.01 170 48 8 9 1 3 0.5 0.9 13 0.01
KL16-03 173.5 176.5 0.0044 44 0.01 0.01 255 21 19 9 1 5 0.3 0.7 13 0.01
KL16-03 176.5 179.5 0.0071 71 0.06 0.01 410 60 67 75 2 5 2.2 2.9 24 0.1
KL16-03 179.5 182.5 0.0054 54 0.2 0.01 240 23 110 19 1 3 5.6 4.1 24 0.2
KL16-03 182.5 185.5 0.0086 86 0.13 0.01 700 48 130 33 2 3 5 6.5 21 0.25
KL16-03 185.5 188.5 0.0055 55 0.26 0.01 264 25 140 21 2 9 7.4 5.9 25 0.17
KL16-03 188.5 191.5 0.0153 153 0.4 0.01 163 17 200 26 2 6 5.4 0.8 29 0.17
KL16-04 0 2.3 0.58 5800 0.92 0.9 40 11 16 17 2 11 0.2 6.5 22 0.01
KL16-04 2.3 5.2 1.21 12100 2.39 1.7 100 49 13 238 1 20 0.4 14.8 8 0.01
KL16-04 5.2 8.2 0.95 9500 0.81 1.2 118 40 9 96 0.01 8 0.3 10.3 17 0.01
KL16-04 8.2 11.2 0.63 6300 0.6 0.8 134 39 3 1400 0.01 7 0.01 8.7 32 0.01
KL16-04 11.2 14.2 0.78 7800 0.74 0.8 157 27 4 164 1 10 0.3 6.8 14 0.01
KL16-04 14.2 17.2 0.432 4320 0.36 0.01 174 78 4 457 0.01 3 0.01 4.0 12 0.01
KL16-04 17.2 20.2 0.339 3390 0.34 0.01 147 45 4 220 0.01 4 0.01 3.0 69 0.01
KL16-04 20.2 22.3 0.472 4720 0.49 1 136 33 5 550 0.01 8 0.01 6.1 98 0.01
KL16-04 22.3 25.5 0.435 4350 0.36 0.9 85 24 1 590 0.01 5 0.01 2.5 58 0.01
KL16-04 25.5 28.6 0.496 4960 0.53 1.4 213 62 4 670 0.01 4 0.01 5.0 24 0.01
KL16-04 28.6 31.6 0.79 7900 0.73 1 212 12 20 201 0.01 8 0.01 7.8 18 0.01
KL16-04 31.6 34.6 0.83 8300 0.84 0.9 67 13 25 213 0.01 14 1.2 12.5 12 0.01
KL16-04 34.6 36.1 1.6 16000 1.69 2.1 96 27 11 910 0.01 11 0.01 11.3 24 0.01
KL16-04 36.1 38.2 0.87 8700 1.13 1.5 65 38 10 180 0.01 8 0.2 10.0 80 0.01



Appendix V - 6 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-04 38.2 41.2 0.74 7400 0.79 1.2 274 21 28 154 0.01 25 0.3 16.1 14 0.01
KL16-04 41.2 44.2 0.86 8600 1.04 1.1 65 17 18 590 1 8 0.3 8.3 34 0.01
KL16-04 44.2 46.4 1.64 16400 2.16 2 127 29 13 202 2 18 0.3 16.3 23 0.01
KL16-04 46.4 49.1 1.07 10700 0.87 0.8 380 12 37 264 0.01 88 0.2 23.0 21 0.01
KL16-04 49.1 51.6 1.15 11500 1.41 1.7 82 11 13 52 1 16 0.4 10.0 31 0.01
KL16-04 51.6 53.5 1.44 14400 1.76 2.9 128 11 21 760 1 12 0.4 12.8 33 0.01
KL16-04 53.5 67.1 0.428 4280 0.79 1.3 134 37 33 2710 4 7 0.4 15.2 29 0.01
KL16-04 67.1 70.3 1.54 15400 1.23 2.6 550 17 38 82 8 34 2.3 26.1 42 0.01
KL16-04 70.3 71.8 1.05 10500 1.73 3.7 540 43 31 2800 10 27 0.3 19.5 64 0.01
KL16-04 71.8 73.7 0.83 8300 1.33 3 9900 44 18 1280 44 33 0.3 38.0 52 0.01
KL16-04 73.7 75.3 0.0346 346 0.28 0.01 183 38 35 5080 5 6 0.01 12.8 105 0.01
KL16-04 75.3 77.2 0.0205 205 0.39 0.01 265 42 44 2560 5 5 0.01 3.5 51 0.01
KL16-04 77.2 80.2 0.03 300 0.85 1 980 56 36 146 2 3 0.6 1.5 37 0.01
KL16-04 80.2 83.2 0.168 1680 0.67 3.3 7900 119 30 37 5 7 1.9 11.3 36 0.01
KL16-04 83.2 86.2 0.102 1020 1.67 38.1 7600 13500 19 44 178 4 3.9 102.5 37 0.01
KL16-04 86.2 89.2 0.0207 207 0.16 4.5 390 930 13 42 14 3 0.4 16.0 18 0.01
KL16-04 89.2 92.2 0.0212 212 0.21 4.2 3440 750 16 375 18 3 0.8 9.8 22 0.01
KL16-04 92.2 95.2 0.0349 349 0.96 7 3990 3290 31 27 9 2 1.8 19.8 36 0.01
KL16-04 95.2 97.9 0.0173 173 1.05 10 4780 2450 32 56 48 4 1.5 26.6 46 0.01
KL16-04 97.9 100.9 0.0064 64 0.16 3 1350 640 20 53 16 0.01 0.6 11.1 32 0.01
KL16-04 100.9 103.9 0.0028 28 0.12 2.5 680 630 29 19 9 2 0.9 4.8 25 0.01
KL16-04 103.9 107 0.0106 106 0.13 3.2 1470 1370 33 28 12 3 1 8.5 52 0.01
KL16-04 107 109.9 0.0103 103 0.24 11.1 7800 4400 22 38 47 4 0.01 53.0 24 0.01
KL16-04 109.9 112.6 0.004 40 0.09 1.5 680 430 26 10 9 2 0.4 4.8 13 0.01
KL16-04 112.6 115.7 0.0081 81 0.14 3.3 3940 860 21 12 18 2 0.6 8.8 19 0.01
KL16-04 115.7 118.8 0.0072 72 0.07 2.4 1370 1540 23 21 1 3 1.2 8.0 35 0.01
KL16-04 118.8 121.8 0.0089 89 0.08 2.6 2430 1800 26 20 4 2 0.7 11.0 32 0.01
KL16-04 121.8 124.9 0.0223 223 0.17 4.8 3650 2260 38 99 18 3 1.2 20.0 36 0.01
KL16-04 124.9 128 0.0206 206 0.17 5.5 8300 1530 45 15 28 0.01 1.7 27.1 31 0.01
KL16-04 128 131 0.0187 187 0.12 5.5 5700 950 40 56 26 0.01 0.8 25.0 36 0.01
KL16-04 131 134.2 0.065 650 0.13 2.8 3820 580 110 14 11 0.01 2 19.0 18 0.01
KL16-04 134.2 136.4 0.017 170 0.09 1.2 1660 238 33 26 5 0.01 0.7 8.8 20 0.01
KL16-04 136.4 139.1 0.0041 41 0.04 0.01 264 80 12 14 0.01 0.01 0.4 1.8 21 0.01
KL16-04 139.1 142.3 0.0038 38 0.03 0.01 251 137 12 34 0.01 0.01 0.2 2.3 21 0.01
KL16-04 142.3 145.3 0.0023 23 0.02 0.6 232 280 9 7 0.01 0.01 0.01 1.3 14 0.01
KL16-04 145.3 147.3 0.0048 48 0.03 0.01 260 162 12 24 1 2 0.4 1.8 17 0.01
KL16-04 147.3 149.2 0.0123 123 0.05 1 990 255 28 81 2 0.01 0.8 2.0 15 0.01
KL16-04 149.2 152.2 0.0325 325 0.12 8.7 4750 8900 37 129 23 0.01 2.9 61.6 19 0.01
KL16-04 152.2 155.2 0.0066 66 0.07 1.4 800 160 20 7 5 0.01 0.7 5.0 22 0.01
KL16-04 155.2 157.6 0.013 130 0.07 1.7 1440 1140 30 6 4 0.01 1.2 20.6 23 0.01
KL16-04 157.6 164.2 0.0042 42 0.04 0.9 329 143 29 5 0.01 0.01 0.8 2.3 20 0.01
KL16-04 164.2 176.2 0.0366 366 0.7 18 6900 3600 130 120 36 4 4.9 27.3 67 0.23
KL16-04 176.2 182.2 0.0068 68 0.31 3.8 550 590 49 45 7 2 2 10.0 61 0.11
KL16-04 182.2 185.2 0.001 10 0.06 1.2 117 135 18 3 2 0.01 0.8 0.0 20 0.01
KL16-04 185.2 188.2 0.001 10 0.05 0.01 235 78 24 0.01 0.01 0.01 0.7 0.0 21 0.01
KL16-04 188.2 191.2 0.0133 133 0.04 0.01 73 45 13 5 0.01 0.01 0.3 0.0 22 0.01
KL16-05 0 2.2 1.89 18900 1.81 1.5 115 29 10 1720 1 18 0.3 12.3 29 0.01
KL16-05 2.2 5.2 1.21 12100 1.43 0.7 76 17 23 202 1 12 0.01 14.5 25 0.01
KL16-05 5.2 7.6 0.63 6300 0.68 0.8 194 52 9 430 1 13 0.4 12.8 48 0.01
KL16-05 7.6 10.6 0.61 6100 0.72 0.6 460 42 14 220 0.01 10 0.3 11.5 18 0.01
KL16-05 10.6 13.6 0.494 4940 0.52 0.6 168 41 4 590 0.01 10 0.5 8.5 31 0.01
KL16-05 13.6 16.7 0.76 7600 0.83 0.6 82 19 9 138 0.01 11 0.3 11.1 23 0.01
KL16-05 16.7 20.2 1.02 10200 1.65 0.8 201 32 37 109 0.01 15 0.5 16.3 17 0.01
KL16-05 20.2 22.4 0.64 6400 1.2 0.6 63 22 6 244 0.01 14 0.2 13.0 16 0.01
KL16-05 22.4 25.5 1.03 10300 1.63 0.9 225 46 9 127 3 9 0.2 10.0 18 0.01
KL16-05 25.5 28.6 0.76 7600 0.93 0.7 195 28 4 59 1 10 0.01 11.8 33 0.01
KL16-05 28.6 31.7 1.56 15600 2.18 1.2 168 15 26 88 1 18 0.01 10.0 10 0.01
KL16-05 31.7 34.8 0.92 9200 1.12 0.9 274 19 10 132 0.01 13 0.01 15.8 11 0.01
KL16-05 34.8 38.2 1.02 10200 1.18 1.5 810 68 23 230 1 16 0.2 14.1 19 0.01
KL16-05 38.2 41.2 0.473 4730 0.72 0.01 79 23 10 91 0.01 11 0.01 8.8 17 0.01
KL16-05 41.2 44.2 0.352 3520 0.41 0.01 76 23 11 112 0.01 9 0.5 6.3 30 0.01
KL16-05 44.2 47.2 0.327 3270 0.31 0.01 73 17 7 21 0.01 6 0.2 5.8 35 0.01
KL16-05 47.2 49.4 0.406 4060 0.49 0.01 500 39 8 93 1 16 0.01 8.3 18 0.01



Appendix V - 7 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-05 49.4 52.4 0.76 7600 0.71 0.9 2030 40 26 68 0.01 63 0.4 24.2 15 0.01
KL16-05 52.4 55.4 1.48 14800 1.51 1.8 12200 32 16 63 1 92 0.6 24.4 43 0.01
KL16-05 55.4 57 0.61 6100 1.27 0.8 395 40 8 8 2 9 0.01 9.0 27 0.01
KL16-05 57 59.2 0.29 2900 0.51 0.5 430 18 3 84 0.01 4 0.01 5.3 24 0.01
KL16-05 59.2 62.6 0.312 3120 0.37 0.01 129 13 6 136 2 6 0.01 5.3 17 0.01
KL16-05 62.6 65.2 1.82 18200 2.28 2.3 140 12 22 160 2 24 0.01 12.1 35 0.01
KL16-05 65.2 68.2 0.91 9100 1.57 1.1 84 12 30 82 5 13 0.01 16.3 13 0.01
KL16-05 68.2 71.2 0.7 7000 1.19 1 212 20 17 134 3 13 0.3 13.6 20 0.01
KL16-05 71.2 74.2 0.391 3910 0.59 0.01 145 22 3 315 3 10 0.3 6.3 32 0.01
KL16-05 74.2 77.2 0.345 3450 0.47 0.01 131 59 26 64 2 16 0.4 8.3 20 0.01
KL16-05 77.2 80.2 0.58 5800 0.56 0.7 103 22 12 173 2 21 0.3 13.8 30 0.01
KL16-05 80.2 83.2 0.35 3500 0.34 0.5 119 31 1 450 0.01 6 0.01 6.0 31 0.01
KL16-05 83.2 84.7 0.81 8100 0.78 0.9 110 27 18 369 0.01 17 1.1 10.4 26 0.01
KL16-05 84.7 101.2 0.397 3970 0.53 0.9 77 33 10 131 0.01 9 1 4.5 20 0.01
KL16-05 101.2 110.2 0.86 8600 0.53 0.9 109 21 36 190 1 12 1.5 12.5 14 0.01
KL16-05 110.2 116.2 0.75 7500 0.76 1.3 287 25 12 655 2 20 0.9 10.6 41 0.01
KL16-05 116.2 122.2 0.343 3430 0.42 0.6 68 19 11 93 2 17 0.01 6.8 14 0.01
KL16-05 122.2 126.6 0.41 4100 0.53 0.7 56 12 14 324 1 21 0.2 8.5 23 0.01
KL16-05 126.6 129.2 0.215 2150 0.21 0.01 126 23 4 30 2 17 0.01 7.3 80 0.01
KL16-05 129.2 131.6 0.096 960 0.16 0.01 90 28 9 810 2 8 0.01 4.5 37 0.01
KL16-05 131.6 134.1 0.347 3470 0.52 0.7 134 41 55 79 2 51 0.8 12.8 21 0.01
KL16-05 134.1 137.2 0.113 1130 0.19 0.01 198 11 11 14 132 16 0.4 8.0 14 0.01
KL16-05 137.2 138.9 0.303 3030 0.16 0.9 600 26 68 16 2 379 0.5 45.5 23 0.01
KL16-05 138.9 142.2 0.058 580 0.05 0.8 1490 118 37 82 4 22 0.8 6.3 18 0.01
KL16-05 142.2 145.2 0.071 710 0.09 0.8 14500 31 47 22 5 50 2.1 16.3 20 0.01
KL16-05 145.2 148.2 0.052 520 0.22 0.01 10300 41 34 21 5 14 0.8 9.5 21 0.01
KL16-05 148.2 150.4 0.0371 371 0.34 0.01 6300 20 16 6 2 8 0.6 5.0 20 0.01
KL16-05 150.4 152.2 0.42 4200 0.97 3.7 94600 103 37 34 8 82 0.5 82.0 34 0.01
KL16-05 152.2 155.2 0.06 600 0.71 1 4000 25 23 166 200 10 0.5 9.2 30 0.1
KL16-05 155.2 158.2 0.076 760 5.76 1.3 6820 44 42 93 38 25 0.6 14.0 31 0.01
KL16-05 158.2 161.2 0.0286 286 13.8 2.3 460 32 37 30 8 6 0.3 1.3 26 0.01
KL16-05 161.2 163.7 0.0385 385 3.09 1.6 820 138 54 44 53 7 1.1 5.3 33 0.01
KL16-05 163.7 165.2 0.113 1130 0.44 3.2 3300 260 18 58 3 6 0.6 6.0 17 0.01
KL16-05 165.2 167.2 0.112 1120 0.51 1.7 21100 125 42 8 7 18 0.9 17.3 23 0.01
KL16-05 167.2 170.2 0.0262 262 0.29 0.8 3730 59 27 59 3 5 0.6 5.3 19 0.01
KL16-05 170.2 173.2 0.163 1630 0.65 5 16400 520 100 156 20 10 1.3 20.7 227 0.01
KL16-05 173.2 175.5 0.081 810 0.56 1.2 5700 104 69 37 2 6 0.6 11.8 40 0.01
KL16-05 175.5 177.7 0.0255 255 0.38 1.8 3060 197 95 25 10 3 2.6 8.0 46 0.01
KL16-05 177.7 180.2 0.0042 42 0.13 1.8 470 287 29 9 12 2 0.5 3.5 36 0.01
KL16-05 180.2 181.9 0.0041 41 0.18 1.4 610 520 26 10 30 0.01 0.6 5.5 42 0.01
KL16-05 181.9 184.3 0.068 680 0.11 0.8 450 650 14 12 2 0.01 0.5 6.5 35 0.01
KL16-05 184.2 187.3 0.06 600 0.17 9.1 3440 2320 50 12 46 2 0.6 22.8 51 0.01
KL16-05 187.3 190 0.0223 223 0.11 6.3 4780 1870 32 48 22 3 1.1 13.8 27 0.01
KL16-05 190 193.2 0.0162 162 0.1 1.8 1300 198 51 88 7 2 0.6 7.3 23 0.01
KL16-05 193.2 196.3 0.0119 119 0.1 1.7 1160 124 44 64 6 3 0.2 7.5 25 0.01
KL16-05 196.3 199.3 0.043 430 0.1 5.9 3880 3100 33 41 16 0.01 1.6 13.8 26 0.01
KL16-05 199.3 202.3 0.194 1940 0.49 51.5 29500 25200 70 156 89 3 26 47.9 58 0.01
KL16-05 202.3 205.2 0.133 1330 0.34 59.5 46600 55000 40 97 60 5 63 211.0 62 0.01
KL16-05 205.2 209.2 0.067 670 0.12 20.1 7200 8600 40 36 30 3 14.3 32.0 31 0.01
KL16-05 209.2 211.5 0.0214 214 0.12 8 2900 3020 41 34 13 3 30 9.1 23 0.01
KL16-05 211.5 212.7 0.023 230 0.24 15.7 3860 4920 100 41 8 2 50 15.7 56 0.01
KL16-05 212.7 218.2 0.013 130 0.18 2.4 1070 640 59 207 2 3 3.7 4.8 51 0.01
KL16-06 0 3 1.02 10200 0.94 1.2 74 55 17 317 0.01 13 0.5 10.3 53 0.01
KL16-06 3 6 0.71 7100 0.78 0.9 92 52 18 600 0.01 18 0.7 12.2 38 0.01
KL16-06 6 9 1.04 10400 0.66 0.7 81 47 17 460 1 15 0.4 14.3 43 0.01
KL16-06 9 11.1 0.78 7800 0.83 0.8 58 33 32 620 4 11 0.2 12.5 35 0.01
KL16-06 11.1 13 1.29 12900 1.68 1.6 62 25 40 75 2 20 0.01 16.1 27 0.01
KL16-06 13 15.7 1.48 14800 2.33 2 150 87 720 110 1 37 3.2 20.0 77 0.01
KL16-06 15.7 18 0.487 4870 0.77 0.8 149 29 150 395 0.01 15 2.5 12.3 84 0.01
KL16-06 18 21 0.84 8400 0.91 1 194 21 16 770 0.01 17 1.3 15.5 64 0.01
KL16-06 21 24 0.62 6200 0.85 1.2 470 91 120 920 0.01 15 0.8 21.8 83 0.01
KL16-06 24 27 0.62 6200 1.02 1.1 175 24 16 310 0.01 13 0.7 8.8 30 0.01
KL16-06 27 30 0.48 4800 0.68 1.7 406 241 18 650 0.01 16 0.6 18.8 102 0.01



Appendix V - 8 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-06 30 33 0.321 3210 0.96 1 175 160 95 690 1 5 1.3 17.0 170 0.01
KL16-06 33 36 0.61 6100 3.78 1.6 290 42 240 530 0.01 16 5.1 12.5 44 0.14
KL16-06 36 39 0.99 9900 2.46 2.1 334 66 28 114 0.01 22 0.9 49.2 50 0.01
KL16-06 39 42 0.6 6000 1.49 1.7 375 38 34 24 0.01 14 0.5 35.0 31 0.01
KL16-06 42 45 1.06 10600 1.55 2.2 490 22 13 12 0.01 29 0.3 40.0 47 0.01
KL16-06 45 48 0.7 7000 0.51 2.4 16300 22 12 5 1 39 1.4 35.9 27 0.01
KL16-06 48 51 0.47 4700 0.77 1.5 17200 24 8 15 3 42 3.2 50.0 28 0.01
KL16-06 51 54 0.98 9800 1.55 2.4 6200 22 8 20 2 33 0.7 55.0 80 0.01
KL16-06 54 56.5 3.22 32200 1.73 6.5 3900 34 10 77 0.01 35 0.4 57.0 77 0.01
KL16-06 56.5 58.5 1.03 10300 1.5 2.5 136 19 4 4 1 11 0.01 4.8 9 0.01
KL16-06 58.5 61.5 1.82 18200 1.37 1.7 273 19 1 263 0.01 35 0.2 14.0 64 0.01
KL16-06 61.5 64.5 0.82 8200 0.84 0.9 223 40 8 388 0.01 46 1.1 35.0 52 0.01
KL16-06 64.5 67.5 0.72 7200 0.72 0.8 372 29 5 169 0.01 40 0.7 17.3 59 0.12
KL16-06 67.5 70.5 1.42 14200 2.82 1.7 830 26 2 153 1 37 0.8 9.0 76 0.01
KL16-06 70.5 73.5 2.13 21300 3.36 2.9 600 22 3 276 5 34 0.3 13.5 49 0.01
KL16-06 73.5 76.5 5.6 56000 7.68 7.4 299 130 25 240 4 22 1.7 30.0 105 0.01
KL16-06 76.5 79.5 0.55 5500 0.24 1.2 240 101 48 315 1 14 2.6 7.5 72 0.01
KL16-06 79.5 81.5 3.87 38700 2.6 7.2 132 49 25 367 3 20 1.2 18.0 81 0.01
KL16-06 81.5 84 2.34 23400 1.34 7.7 124 173 38 194 2 11 1.4 12.5 68 0.12
KL16-06 84 87 1.8 18000 0.55 4.3 49 45 10 110 3 10 0.3 9.5 80 0.01
KL16-06 87 90 1.63 16300 0.59 3.5 55 26 8 111 2 7 0.3 10.0 60 0.01
KL16-06 90 93 0.85 8500 0.32 1.6 24 14 6 79 1 3 0.2 6.3 52 0.01
KL16-06 93 96 1.2 12000 0.39 2 45 20 6 17 1 5 0.01 4.8 56 0.01
KL16-06 96 99 2.07 20700 0.41 3.8 56 20 11 37 3 8 0.2 6.0 42 0.01
KL16-06 99 102 1.63 16300 0.4 2.7 26 18 9 32 3 7 0.2 7.0 50 0.01
KL16-06 102 105 1.6 16000 0.65 3.3 45 18 11 17 3 8 1 8.9 67 0.01
KL16-06 105 108 0.83 8300 0.64 2.1 50 23 34 26 4 11 0.01 13.3 52 0.01
KL16-06 108 111 1.1 11000 0.59 1.8 60 22 11 32 2 8 0.01 15.5 38 0.01
KL16-06 111 114 1.42 14200 0.81 2.9 75 25 8 17 5 7 0.01 10.3 36 0.01
KL16-06 114 117 1.29 12900 1.92 3.1 253 193 38 84 4 10 0.9 25.0 47 0.01
KL16-06 117 120 1.6 16000 2.23 3.2 141 87 34 82 3 11 1.4 22.3 46 0.01
KL16-06 120 123 1.59 15900 0.83 2.9 34 32 13 64 2 9 0.01 7.8 34 0.01
KL16-06 123 126 2.14 21400 0.87 2.8 78 41 16 82 4 10 0.01 7.3 40 0.01
KL16-06 126 129 1.36 13600 0.66 2 116 70 31 70 3 8 0.01 7.5 41 0.01
KL16-06 129 132 1.44 14400 0.57 1.7 122 70 19 50 3 6 0.01 7.8 41 0.01
KL16-06 132 135 1.18 11800 0.91 1.3 77 54 26 121 2 5 0.4 9.8 50 0.01
KL16-06 135 138 1.13 11300 0.93 1.5 44 20 18 76 2 8 0.01 6.0 57 0.01
KL16-06 138 141 0.74 7400 0.95 1.2 34 25 10 78 2 7 0.01 5.7 41 0.01
KL16-06 141 144 0.74 7400 0.75 1 47 20 12 52 2 8 0.01 5.3 41 0.01
KL16-06 144 147 1.32 13200 0.95 2 830 540 88 36 4 9 3.2 17.0 41 0.01
KL16-06 147 150 1.4 14000 0.89 2.1 266 237 73 75 5 10 3.3 14.6 107 0.01
KL16-06 150 153 1.32 13200 1.5 1.7 58 17 21 21 2 7 0.01 9.0 105 0.01
KL16-06 153 156 0.44 4400 0.56 0.9 35 20 15 62 2 7 0.01 12.2 94 0.01
KL16-06 156 159 0.401 4010 1.19 1 46 11 19 50 1 5 0.3 13.0 95 0.01
KL16-06 159 162 0.74 7400 0.92 1.3 87 97 50 44 1 10 7.3 12.3 85 0.01
KL16-06 162 165 1.04 10400 1.08 1.8 630 590 32 38 1 13 5.7 8.8 75 0.01
KL16-06 165 168 1.32 13200 1.29 1.7 160 81 13 78 0.01 13 1.6 5.5 97 0.01
KL16-06 168 169.9 1.77 17700 2.31 2.4 87 53 16 62 1 14 0.9 6.5 95 0.01
KL16-06 169.9 172.5 0.97 9700 1.15 1.5 75 24 10 120 0.01 17 0.5 8.5 110 0.01
KL16-06 172.5 173.9 0.83 8300 0.7 1.2 45 14 8 180 0.01 13 0.5 7.8 125 0.01
KL16-06 173.9 177 0.7 7000 0.69 0.9 52 24 14 75 1 9 1.4 8.1 134 0.01
KL16-06 177 180 0.93 9300 0.8 1.2 46 25 25 72 1 9 0.6 11.3 132 0.01
KL16-06 180 183 0.76 7600 1.1 1.2 101 43 6 53 1 11 0.5 8.0 139 0.01
KL16-06 183 186 1.32 13200 2.29 1.8 56 41 13 62 0.01 12 0.01 8.5 113 0.01
KL16-06 186 189 1.1 11000 1.53 1.5 23 20 11 71 2 10 0.5 8.5 96 0.01
KL16-06 189 192 1.13 11300 1.07 1.7 49 45 52 40 2 9 4.8 8.8 115 0.01
KL16-06 192 195 0.95 9500 1.06 1.3 19 20 7 169 7 7 0.4 5.5 130 0.01
KL16-06 195 198 1.05 10500 0.8 1.5 40 15 11 86 0.01 10 0.8 6.5 86 0.01
KL16-06 198 201 1.94 19400 0.86 2.6 44 20 14 204 1 16 0.6 7.8 86 0.01
KL16-06 201 204 0.99 9900 0.64 1.3 37 17 7 226 0.01 11 0.3 5.8 94 0.01
KL16-06 204 207 1.19 11900 0.46 1.8 52 24 10 260 46 15 0.5 6.5 87 0.01
KL16-06 207 210 1.76 17600 0.79 2.4 126 273 10 212 1 11 0.8 7.8 86 0.01
KL16-06 210 213 1.62 16200 1.21 2.4 49 29 10 204 3 9 0.5 9.5 126 0.01



Appendix V - 9 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-06 213 216 1.34 13400 2.2 2.1 71 50 16 42 1 16 1 25.5 112 0.01
KL16-06 216 220.1 2.57 25700 2.52 4.1 126 50 17 680 3 16 0.5 13.0 110 0.01
KL16-06 220.1 223.2 0.74 7400 1.2 2.1 132 78 87 61 0.01 17 0.7 19.3 95 0.01
KL16-06 223.2 226.5 0.478 4780 0.47 1.4 88 61 77 45 0.01 16 0.5 4.3 74 0.01
KL16-06 226.5 229.5 0.76 7600 4.84 2.1 144 92 30 134 0.01 15 3.8 21.2 70 0.01
KL16-06 229.5 231.8 1.08 10800 0.46 1.9 277 200 61 32 1 9 1.9 10.8 172 0.01
KL16-06 231.8 234 1.65 16500 1.39 4.9 78 50 25 37 1 16 2.1 12.0 78 0.01
KL16-06 234 236.1 2.3 23000 3.48 4.5 88 40 21 97 3 12 1.3 12.2 94 0.01
KL16-06 236.1 238.5 0.425 4250 0.27 0.8 82 58 60 34 1 3 10.2 8.8 227 0.01
KL16-06 238.5 241.5 1.54 15400 0.26 3.8 1030 360 38 31 6 3 7.2 5.3 206 0.16
KL16-06 241.5 243 0.74 7400 0.1 1.5 119 120 26 6 1 3 4 1.2 149 0.01
KL16-06 243 246 0.8 8000 0.36 1.7 81 104 8 6 0.01 2 2.2 1.5 168 0.01
KL16-06 246 249 0.66 6600 0.19 1.4 81 120 7 8 1 3 1.6 1.5 163 0.01
KL16-06 249 252 0.56 5600 0.28 1.2 68 100 12 10 1 3 1 5.0 187 0.01
KL16-06 252 255 1.07 10700 0.29 2.5 169 165 230 2 1 3 2.2 0.8 255 0.57
KL16-06 255 258 0.86 8600 0.26 4.7 1170 710 13 6 4 2 2.8 2.0 183 0.15
KL16-06 258 261 1.13 11300 0.41 4.1 414 146 33 11 1 3 1.3 3.5 199 0.1
KL16-06 261 264 0.6 6000 0.21 1.1 91 60 27 16 0.01 3 2.1 2.0 121 0.11
KL16-06 264 267 0.76 7600 0.92 1.8 111 110 16 45 0.01 5 1.8 6.3 117 0.01
KL16-06 267 270 0.471 4710 0.19 1.2 164 140 43 57 1 9 1.1 4.0 135 0.01
KL16-06 270 273 0.321 3210 0.3 1.4 66 45 54 37 0.01 25 0.7 14.3 72 0.01
KL16-06 273 276 0.54 5400 0.21 7.7 4180 5400 380 15 10 3 8.9 7.8 243 1.11
KL16-06 276 279 0.87 8700 0.37 3.2 540 375 180 51 0.01 4 12.2 9.8 157 0.18
KL16-06 279 282.5 1.01 10100 0.42 1.8 64 113 13 107 0.01 4 0.7 9.1 249 0.01
KL16-06 282.5 285 1.11 11100 0.5 2.8 68 147 48 154 0.01 8 1.9 6.3 179 0.01
KL16-06 285 288 0.57 5700 0.25 1.6 710 470 33 86 0.01 8 3.2 5.3 143 0.01
KL16-06 288 294 0.58 5800 0.18 1.1 362 256 27 62 0.01 6 4.3 7.4 120 0.01
KL16-06 294 297 0.94 9400 0.31 2.1 328 206 14 186 1 5 1.3 5.0 143 0.01
KL16-06 297 300 0.6 6000 0.26 1 42 40 12 57 1 8 1.4 5.0 163 0.01
KL16-06 300 302.1 0.84 8400 0.29 1.3 31 32 23 116 0.01 4 0.7 2.8 170 0.01
KL16-06 302.1 304.4 0.8 8000 0.26 1.1 85 61 22 147 0.01 5 0.6 5.0 204 0.01
KL16-06 304.4 307.5 0.7 7000 0.2 0.8 87 80 5 173 0.01 5 0.01 4.5 210 0.01
KL16-06 307.5 309.3 0.55 5500 0.15 0.8 750 580 36 37 0.01 5 2.3 6.8 221 0.01
KL16-06 309.3 311.2 0.504 5040 0.14 0.7 131 54 48 54 0.01 4 0.5 5.5 228 0.01
KL16-06 311.2 313.5 0.44 4400 0.11 0.7 95 42 11 63 0.01 4 2.5 6.4 206 0.01
KL16-06 313.5 315.6 0.7 7000 0.16 0.9 180 114 4 61 0.01 5 0.01 9.5 196 0.01
KL16-06 315.6 318.2 0.87 8700 0.37 1.2 32 40 0.01 154 0.01 9 0.01 12.6 211 0.01
KL16-06 318.2 320.7 0.65 6500 0.45 0.8 202 168 23 92 0.01 9 1.2 9.9 200 0.01
KL16-06 320.7 323.8 0.438 4380 0.19 0.6 55 93 4 63 0.01 6 0.01 7.8 210 0.01
KL16-06 323.8 326.9 0.449 4490 0.3 0.8 50 36 3 72 0.01 8 0.01 8.3 237 0.01
KL16-06 326.9 330.2 0.345 3450 0.29 0.7 46 21 4 31 0.01 8 0.01 6.8 224 0.01
KL16-06 330.2 333.2 0.81 8100 0.65 2.2 187 59 59 36 0.01 12 0.6 7.8 218 0.01
KL16-06 333.2 336.2 0.345 3450 0.32 1 34 14 6 89 0.01 18 0.01 11.9 222 0.01
KL16-06 336.2 339.2 0.483 4830 0.45 1.7 38 24 2 46 0.01 10 0.5 8.0 251 0.01
KL16-06 339.2 342.2 0.63 6300 0.48 1.5 44 20 3 61 0.01 11 0.4 7.7 237 0.01
KL16-06 342.2 345.2 0.407 4070 0.19 0.8 256 29 3 70 0.01 10 0.01 5.8 210 0.01
KL16-06 345.2 348.2 0.431 4310 0.21 1 110 61 5 32 0.01 12 0.01 6.3 215 0.01
KL16-06 348.2 351.2 0.325 3250 0.25 0.9 34 16 1 42 0.01 9 0.01 6.5 204 0.01
KL16-06 351.2 354.2 0.304 3040 0.26 0.9 85 20 2 62 0.01 11 0.01 8.0 218 0.01
KL16-06 354.2 357 0.71 7100 0.38 2 890 510 9 93 2 10 0.7 7.0 180 0.1
KL16-06 357 360.2 0.7 7000 0.39 1.1 64 31 4 54 0.01 14 0.01 8.8 204 0.01
KL16-06 360.2 363.2 0.87 8700 0.41 1.8 145 160 12 107 0.01 12 0.3 5.0 214 0.01
KL16-06 363.2 366.2 0.342 3420 0.22 0.8 96 70 3 29 0.01 8 0.01 6.5 237 0.01
KL16-06 366.2 369.2 0.518 5180 0.23 1.1 100 68 10 46 1 10 0.4 7.3 218 0.01
KL16-06 369.2 372.2 0.45 4500 0.18 1.3 500 62 11 62 2 7 0.7 4.8 149 0.01
KL16-06 372.2 374.7 0.276 2760 0.11 0.8 115 89 22 98 0.01 7 1.4 5.5 129 0.01
KL16-06 374.7 377.7 0.271 2710 0.17 0.9 59 47 7 52 0.01 9 0.3 5.3 170 0.01
KL16-06 377.7 380.5 0.438 4380 0.13 1.1 38 29 15 98 0.01 10 0.9 6.7 143 0.01
KL16-06 380.5 387.2 0.54 5400 0.19 1.4 72 57 7 71 0.01 10 0.5 7.3 164 0.01
KL16-06 387.2 390 0.402 4020 0.21 1.3 50 37 21 46 0.01 8 1.4 7.8 174 0.01
KL16-06 390 393.1 0.371 3710 0.13 1.1 32 19 5 40 0.01 9 0.6 9.8 199 0.01
KL16-06 393.1 396.2 0.307 3070 0.09 1.2 32 20 1 126 1 9 0.01 5.3 217 0.01
KL16-06 396.2 399.2 0.39 3900 0.15 1.4 92 51 6 105 1 9 0.01 6.3 195 0.01



Appendix V - 10 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-06 399.2 402.2 0.24 2400 0.18 1 47 18 8 20 1 7 1.5 6.3 74 0.01
KL16-06 402.2 405.2 0.284 2840 0.33 1.2 110 31 13 66 4 9 0.6 5.3 70 0.01
KL16-06 405.2 409.7 0.82 8200 0.28 1.5 80 38 22 390 2 9 1 9.8 138 0.01
KL16-06 409.7 414.2 0.326 3260 0.2 0.9 90 43 12 250 1 9 0.5 7.3 136 0.01
KL16-06 414.2 416.6 0.85 8500 0.28 1.8 47 23 2 195 4 12 1 8.3 102 0.01
KL16-06 416.6 418.4 0.67 6700 0.17 1.3 37 16 3 96 2 10 0.7 8.5 105 0.01
KL16-06 418.4 420.2 0.55 5500 0.19 1.2 41 20 11 62 2 11 0.4 8.8 103 0.01
KL16-06 420.2 423.2 0.86 8600 0.25 2.1 81 43 39 158 3 11 0.9 9.0 114 0.01
KL16-06 423.2 426.2 1.12 11200 0.24 2.5 57 25 32 363 2 8 2 8.6 61 0.01
KL16-06 426.2 429.2 0.85 8500 0.09 1.5 52 34 42 360 2 8 2.1 5.5 86 0.01
KL16-06 429.2 432.4 1.64 16400 1.24 2.2 100 52 34 595 0.01 15 0.5 11.2 76 0.01
KL16-06 432.4 435.7 1.7 17000 0.58 6.3 380 106 36 330 0.01 14 1.5 9.0 23 0.01
KL16-06 435.7 438.7 0.74 7400 0.26 1.4 84 106 27 146 1 10 0.3 7.9 48 0.01
KL16-06 438.7 441.2 0.441 4410 0.14 1.3 147 49 5 83 1 10 0.01 8.5 54 0.01
KL16-06 441.2 444.2 0.52 5200 0.26 1.2 229 95 7 170 0.01 11 0.3 7.3 52 0.01
KL16-06 444.2 447.2 0.6 6000 0.24 1.1 74 27 7 92 0.01 11 0.2 7.5 60 0.01
KL16-06 447.2 449.9 0.62 6200 0.29 1.1 67 31 2 230 0.01 7 0.01 5.8 61 0.01
KL16-06 449.9 452.5 0.356 3560 0.15 1.3 124 58 8 84 0.01 9 6 6.0 57 0.01
KL16-06 452.5 454.8 0.94 9400 0.3 1.9 44 24 54 167 0.01 18 1.3 9.0 61 0.01
KL16-06 454.8 457.2 0.491 4910 0.11 1 73 65 18 112 0.01 12 1.2 10.0 57 0.01
KL16-06 457.2 460.2 0.81 8100 0.46 1.6 38 23 6 140 0.01 11 0.4 8.3 70 0.01
KL16-06 460.2 462.8 0.82 8200 0.47 1.8 37 26 3 950 0.01 14 0.6 9.3 64 0.01
KL16-06 462.8 465.2 0.92 9200 0.22 1.9 62 80 16 170 0.01 13 2.7 9.0 81 0.01
KL16-06 465.2 468.2 0.57 5700 0.18 1.1 34 19 2 78 0.01 8 0.9 6.3 63 0.01
KL16-06 468.2 471.2 0.64 6400 0.26 1.2 57 31 7 160 0.01 10 0.7 8.5 67 0.01
KL16-06 471.2 474.2 0.65 6500 0.12 1.8 100 66 24 257 0.01 11 1.8 9.0 60 0.01
KL16-06 474.2 477.2 0.54 5400 0.11 1.2 65 30 20 180 0.01 11 1.2 7.5 48 0.01
KL16-06 477.2 480.2 0.76 7600 0.09 2.3 224 164 60 215 0.01 14 3 7.1 258 0.01
KL16-06 480.2 483.2 0.6 6000 0.27 1.3 34 17 2 97 0.01 12 0.4 7.0 116 0.01
KL16-06 483.2 489.2 1.28 12800 0.64 2.6 52 20 2 420 0.01 14 0.6 9.3 342 0.01
KL16-06 489.2 491.7 0.337 3370 0.15 1.1 301 169 4 147 0.01 7 1.1 7.6 59 0.01
KL16-06 491.7 494.1 0.59 5900 0.13 1.7 100 80 36 1450 0.01 8 5.2 7.0 204 0.01
KL16-06 494.1 496.2 0.54 5400 0.13 1.6 87 43 15 259 0.01 7 1.5 10.0 62 0.01
KL16-06 496.2 499.4 0.461 4610 0.16 1.3 48 20 2 330 1 7 0.5 6.8 105 0.01
KL16-06 499.4 505.2 0.84 8400 0.24 2.1 66 48 38 1140 0.01 11 0.7 9.3 53 0.01
KL16-06 505.2 507.7 0.63 6300 0.12 1.2 55 27 40 150 0.01 7 2.1 8.8 45 0.01
KL16-06 507.7 510.8 0.74 7400 0.14 1.1 55 27 34 170 1 8 3.9 7.0 157 0.01
KL16-06 510.8 513.2 0.79 7900 0.32 1.3 45 35 9 668 0.01 13 1.4 6.8 72 0.01
KL16-06 513.2 515.6 0.69 6900 0.26 1.3 103 48 0.01 100 0.01 10 0.7 7.5 178 0.01
KL16-06 515.6 519.1 0.59 5900 0.19 1.8 102 47 24 189 0.01 10 1.6 4.0 63 0.01
KL16-06 519.1 521.2 0.512 5120 0.2 1.4 54 32 3 162 0.01 11 0.6 5.3 199 0.01
KL16-06 521.2 524.4 0.615 6150 0.11 2.5 92 55 140 312 3 8 4 6.9 67 0.01
KL16-06 524.4 528.2 0.51 5100 0.12 1 32 24 37 180 1 7 2 3.9 74 0.01
KL16-06 528.2 531.2 0.44 4400 0.16 0.9 42 25 4 285 0.01 9 0.01 6.0 187 0.01
KL16-06 531.2 534.2 0.7 7000 0.29 1.2 282 57 3 170 1 12 0.8 6.6 59 0.01
KL16-06 534.2 536.1 0.98 9800 0.52 2.3 590 205 1 232 1 18 0.4 6.5 82 0.01
KL16-06 536.1 538.8 1.64 16400 0.68 1.8 116 16 6 38 2 62 0.5 10.8 21 0.01
KL16-06 538.8 541.8 1.06 10600 0.21 0.8 75 18 2 6 3 37 0.3 10.5 13 0.01
KL16-06 541.8 544.3 3.14 31400 1.8 4.1 181 17 8 96 1 104 0.4 9.5 18 0.01
KL16-06 544.3 547.4 0.81 8100 0.68 1.2 235 42 4 34 3 33 0.9 8.0 44 0.01
KL16-06 547.4 549.2 0.65 6500 0.36 1.3 43 16 6 16 0.01 18 0.3 5.5 35 0.01
KL16-06 549.2 551.4 0.75 7500 0.37 2.3 42 14 3 61 0.01 19 0.6 5.5 16 0.01
KL16-06 551.4 554.2 1.31 13100 0.72 3.5 99 17 15 32 0.01 75 0.7 19.0 22 0.01
KL16-06 554.2 557.2 1.29 12900 0.96 4.6 212 25 25 370 1 46 1.1 27.8 23 0.01
KL16-06 557.2 558.3 1.55 15500 1.27 3.7 269 21 14 116 0.01 40 1.8 15.0 22 0.01
KL16-06 558.3 561.2 1.09 10900 0.82 3.1 231 38 13 94 2 30 2.4 12.8 38 0.01
KL16-06 561.2 565.7 2.02 20200 1.14 4 306 36 41 101 0.01 26 0.6 12.5 44 0.01
KL16-06 565.7 568.1 2.99 29900 3.08 9 370 28 18 9 1 44 0.3 13.5 18 0.01
KL16-06 568.1 570.2 3.56 35600 2.78 10.8 292 27 29 19 0.01 31 0.9 7.0 31 0.01
KL16-06 570.2 572.2 2.83 28300 1.7 7.1 57 19 38 36 0.01 72 0.8 17.2 42 0.01
KL16-06 572.2 575.2 2.39 23900 1.52 5.3 337 48 25 28 0.01 22 1.3 12.5 27 0.01
KL16-06 575.2 576.8 0.86 8600 1.16 2.4 313 80 7 2 0.01 48 1.4 7.5 23 0.01
KL16-06 576.8 579.2 0.0186 186 0.01 0.01 64 63 5 28 0.01 2 0.01 0.0 8 0.01



Appendix V - 11 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-06 579.2 582.2 2.74 27400 1.86 6.5 198 37 20 31 0.01 39 0.8 15.0 16 0.01
KL16-06 582.2 585.9 1.45 14500 1.05 4.5 106 38 15 19 0.01 43 2.3 17.0 44 0.01
KL16-06 585.9 586.7 1.77 17700 1.08 3.8 510 200 8 34 0.01 47 0.8 7.0 36 0.01
KL16-06 586.7 589.7 1.32 13200 0.85 3.5 308 40 10 6 0.01 20 0.5 6.0 32 0.01
KL16-06 589.7 592.7 2.12 21200 1.03 23 14600 9200 58 4 4 20 32 17.7 72 0.23
KL16-06 592.7 595.7 5.24 52400 2.42 16.5 1640 133 62 30 2 51 4.6 14.5 56 0.01
KL16-06 595.7 598.7 1.33 13300 0.75 3.7 235 50 13 107 0.01 26 0.7 17.5 35 0.01
KL16-06 598.7 601.7 0.75 7500 0.38 1.6 109 23 4 19 0.01 17 1.1 7.2 34 0.01
KL16-06 601.7 604.7 0.93 9300 0.44 2.1 83 23 5 36 0.01 11 0.01 9.4 40 0.01
KL16-06 604.7 606.7 0.9 9000 0.36 2.3 107 22 4 189 0.01 33 0.01 11.0 19 0.01
KL16-06 606.7 608.7 1.43 14300 0.47 3.5 226 25 4 26 0.01 46 0.01 22.0 23 0.01
KL16-06 608.7 610.7 0.71 7100 0.4 1 203 27 6 59 0.01 26 0.3 7.3 22 0.01
KL16-06 610.7 613.2 1.85 18500 0.71 4.4 450 25 5 53 0.01 57 0.4 10.2 19 0.01
KL16-06 613.2 615.2 0.61 6100 0.27 1.4 166 26 5 71 0.01 33 0.01 9.6 29 0.01
KL16-06 615.2 618.2 1.68 16800 0.91 5.8 343 21 6 13 1 48 0.6 13.7 34 0.01
KL16-06 618.2 621.2 1.25 12500 0.76 8.2 620 17 8 4 7 45 0.3 11.0 36 0.01
KL16-06 621.2 624.2 1.27 12700 0.55 4.9 540 13 8 2 1 32 0.01 9.4 34 0.01
KL16-06 624.2 627.2 1.03 10300 0.35 5.5 1660 17 7 2 1 76 0.6 10.3 52 0.01
KL16-06 627.2 630.2 1.02 10200 0.51 6.4 1370 37 11 2 4 112 0.4 7.5 38 0.01
KL16-06 630.2 633.2 0.5 5000 0.25 4 780 141 15 6 2 16 0.3 6.0 28 0.01
KL16-06 633.2 636.2 0.077 770 0.06 0.01 149 14 5 5 0.01 0.01 0.01 1.7 17 0.01
KL16-06 636.2 639.2 0.076 760 0.05 0.01 121 13 4 7 0.01 2 0.01 2.6 13 0.01
KL16-06 639.2 642.2 0.177 1770 0.07 1.7 530 16 4 3 0.01 8 0.01 3.5 17 0.01
KL16-06 642.2 645.2 0.33 3300 0.06 2.4 590 13 5 4 0.01 20 0.01 2.2 11 0.01
KL16-06 645.2 648.2 0.6 6000 0.18 2.7 450 13 5 0.01 1 33 0.01 5.0 27 0.01
KL16-06 648.2 651.2 0.37 3700 0.18 2.2 490 13 5 0.01 2 25 0.01 3.0 27 0.01
KL16-06 651.2 654.2 0.041 410 0.01 0.01 244 14 4 0.01 0.01 10 0.01 0.0 10 0.01
KL16-06 654.2 657.2 0.0388 388 0.01 0.01 258 15 6 4 0.01 9 0.01 0.5 10 0.01
KL16-06 657.2 660.2 0.04 400 0.01 0.01 167 12 6 10 0.01 7 0.2 0.7 8 0.01
KL16-06 660.2 663.2 1.35 13500 0.6 7.6 406 21 5 5 14 18 0.01 8.7 27 0.01
KL16-06 663.2 666.2 0.06 600 0.1 0.8 134 15 4 0.01 0.01 0.01 0.01 1.9 10 0.01
KL16-06 666.2 669.2 0.072 720 0.05 0.7 159 14 5 3 0.01 3 0.01 1.5 14 0.01
KL16-06 669.2 672.2 0.053 530 0.02 0.6 219 15 3 0.01 0.01 9 0.01 1.2 16 0.01
KL16-06 672.2 675.2 0.421 4210 0.05 1.8 220 11 5 3 0.01 4 0.01 1.8 15 0.01
KL16-06 675.2 678.2 0.51 5100 0.31 1.1 58 9 5 124 0.01 6 0.01 4.8 22 0.01
KL16-06 678.2 681.2 0.098 980 0.05 0.6 245 10 1 0.01 0.01 8 0.01 0.5 17 0.01
KL16-06 681.2 684.2 0.151 1510 0.08 0.7 198 11 2 2 1 6 0.01 2.3 19 0.01
KL16-06 684.2 687.2 0.0219 219 0.06 0.01 106 8 5 0.01 1 0.01 0.01 0.5 9 0.01
KL16-06 687.2 690.2 0.0317 317 0.03 0.01 161 11 15 3 3 0.01 0.01 0.0 13 0.01
KL16-06 690.2 693.2 0.192 1920 0.25 1 257 17 10 0.01 0.01 3 0.01 2.5 19 0.01
KL16-06 693.2 696.2 0.487 4870 0.13 1.2 250 24 7 21 4 4 0.01 5.4 15 0.01
KL16-06 696.2 699.2 0.91 9100 0.33 6.2 660 13 6 0.01 0.01 27 0.01 9.2 31 0.01
KL16-06 699.2 701.2 1.63 16300 0.51 7.2 397 15 1 0.01 4 42 0.01 13.0 31 0.01
KL16-06 701.2 703.2 1.29 12900 0.69 6.4 219 8 6 0.01 4 26 0.01 9.5 27 0.01
KL16-06 703.2 705.2 0.104 1040 0.06 0.01 234 9 3 0.01 3 6 0.01 1.8 12 0.01
KL16-06 705.2 708.2 0.51 5100 0.21 0.9 69 5 3 15 0.01 7 0.01 4.1 15 0.01
KL16-06 708.2 711.2 0.62 6200 0.39 1 75 11 0.01 78 0.01 11 0.01 6.3 19 0.01
KL16-06 711.2 714.2 0.361 3610 0.17 0.01 46 5 1 0.01 1 5 0.01 3.8 15 0.01
KL16-06 714.2 717.2 0.334 3340 0.15 0.8 63 5 0.01 0.01 0.01 9 0.01 4.5 17 0.01
KL16-06 717.2 719.2 0.14 1400 0.04 0.01 39 6 0.01 29 0.01 3 0.01 2.8 0 0.01
KL16-06 719.2 721.5 0.76 7600 0.26 4.6 352 7 4 0.01 3 14 0.01 5.0 11 0.01
KL16-06 721.5 724.2 0.461 4610 0.22 1.6 580 12 8 0.01 1 12 2.1 6.6 25 0.01
KL16-06 724.2 726.2 0.73 7300 0.52 4 700 10 6 0.01 3 12 0.01 7.6 28 0.01
KL16-06 726.2 729.2 0.64 6400 0.45 1.7 339 10 4 21 1 5 0.01 6.4 29 0.01
KL16-06 729.2 732.2 0.51 5100 0.35 1.1 328 10 5 22 0.01 5 0.01 5.3 19 0.01
KL16-06 732.2 735.2 0.114 1140 0.07 0.01 119 8 7 0.01 0.01 2 0.01 1.3 7 0.01
KL16-06 735.2 738.2 0.268 2680 0.16 0.8 207 8 4 0.01 0.01 3 0.01 3.5 17 0.01
KL16-06 738.2 741.2 0.093 930 0.05 0.01 112 8 6 0.01 0.01 2 0.01 1.1 9 0.01
KL16-06 741.2 744.2 0.09 900 0.03 0.01 121 17 8 0.01 0.01 0.01 0.01 2.6 8 0.01
KL16-06 744.2 747.2 0.99 9900 0.63 3.1 270 10 6 2 2 10 0.01 10.3 36 0.01
KL16-06 747.2 750.2 0.53 5300 0.32 1.6 176 10 6 4 0.01 7 0.01 4.6 44 0.01
KL16-06 750.2 753.2 0.76 7600 0.58 1.4 65 12 5 3 0.01 6 0.01 5.2 36 0.01
KL16-06 753.2 755.4 0.46 4600 0.32 1.3 54 8 1 3 0.01 7 0.01 3.3 29 0.01



Appendix V - 12 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-06 755.4 757.1 0.46 4600 0.37 1.3 57 8 2 2 0.01 3 0.01 3.3 34 0.01
KL16-06 757.1 759.2 0.071 710 0.02 0.01 35 14 2 10 0.01 2 0.6 1.1 21 0.01
KL16-06 759.2 762.2 0.28 2800 0.17 0.9 40 9 1 7 1 4 0.01 2.5 34 0.01
KL16-06 762.2 765.2 0.062 620 0.01 0.01 26 10 1 18 0.01 2 0.01 0.0 67 0.01
KL16-06 765.2 768.2 0.29 2900 0.06 1.6 128 16 2 15 0.01 4 0.01 2.4 41 0.01
KL16-06 768.2 770.1 0.203 2030 0.07 1.7 196 12 2 4 4 4 0.01 3.2 12 0.01
KL16-06 770.1 771.9 0.51 5100 0.26 2.2 272 35 20 3 3 7 0.4 4.7 36 0.01
KL16-06 771.9 774.1 1.74 17400 0.4 62 7850 900 22300 13 18 26 500 33.8 40 1.77
KL16-06 774.1 777.2 0.067 670 0.01 2.5 500 1060 83 3 3 0.01 6.3 1.8 39 0.01
KL16-06 777.2 779.3 0.36 3600 0.14 2.7 101 470 15 5 4 3 1.2 2.5 10 0.01
KL16-06 779.3 781.7 0.0287 287 0.01 7.7 234 286 76 18 2 3 28 1.5 73 0.01
KL16-06 781.7 783.2 0.0295 295 0.01 0.01 49 20 5 30 0.01 0.01 0.7 0.8 64 0.01
KL16-06 783.2 786.2 0.0115 115 0.01 0.01 68 24 13 10 0.01 2 2.1 0.5 85 0.01
KL16-06 786.2 789.2 0.0119 119 0.01 0.01 21 10 2 6 0.01 2 0.2 0.0 75 0.01
KL16-06 789.2 792.2 0.042 420 0.01 0.01 36 10 2 14 0.01 0.01 0.2 0.6 62 0.01
KL16-06 792.2 795.2 0.0404 404 0.01 0.01 65 22 5 13 0.01 2 0.8 0.8 68 0.01
KL16-06 795.2 798.2 0.0296 296 0.01 0.01 24 14 1 10 0.01 0.01 0.01 0.0 28 0.01
KL16-06 798.2 801.2 0.169 1690 0.27 0.8 19 8 0.01 45 2 0.01 0.01 2.5 14 0.01
KL16-06 801.2 804.2 0.208 2080 0.39 0.01 35 10 3 3 1 0.01 0.01 3.2 10 0.01
KL16-06 804.2 807.2 0.0412 412 0.03 0.01 55 24 2 12 0.01 0.01 0.01 1.1 17 0.01
KL16-06 807.2 810.2 0.45 4500 2.08 0.9 45 13 0.01 6 0.01 7 0.01 4.3 6 0.01
KL16-06 810.2 813.2 0.35 3500 0.21 0.6 44 10 3 4 0.01 10 0.2 3.8 13 0.01
KL16-06 813.2 815.3 0.083 830 0.08 0.01 22 10 0.01 16 0.01 3 0.01 1.0 18 0.01
KL16-06 815.3 817.6 0.37 3700 0.07 0.8 35 12 2 18 1 3 0.3 0.9 17 0.01
KL16-06 817.6 820.2 2.46 24600 3.41 4 98 12 0.01 3 3 28 0.01 9.0 19 0.01
KL16-06 820.2 823.2 1.2 12000 0.81 2.8 30 14 0.01 27 1 5 0.01 6.6 0 0.01
KL16-06 823.2 825.2 1.12 11200 0.4 2.6 97 8 2 4 1 16 0.01 8.2 21 0.01
KL16-06 825.2 828.2 1.7 17000 1.15 6.6 172 11 0.01 5 6 28 0.2 10.0 24 0.01
KL16-06 828.2 831.2 2.32 23200 1.86 10.6 220 12 0.01 2 10 37 0.01 24.7 26 0.01
KL16-06 831.2 834.2 2.54 25400 1.76 8.9 233 10 0.01 0.01 8 34 0.01 31.0 24 0.01
KL16-06 834.2 836.9 0.35 3500 0.18 0.8 60 11 3 66 0.01 9 0.01 3.3 16 0.01
KL16-06 836.9 838.3 1.55 15500 0.81 3.2 179 13 4 29 0.01 34 0.01 7.2 31 0.01
KL16-06 838.3 841.5 0.65 6500 0.3 1.5 56 8 0.01 7 0.01 12 0.01 3.6 13 0.01
KL16-06 841.5 844.7 0.22 2200 0.09 0.7 63 25 0.01 11 1 7 0.6 2.6 17 0.01
KL16-06 844.7 847.7 0.115 1150 0.05 0.5 19 10 0.01 50 0.01 8 0.01 1.2 22 0.01
KL16-06 847.7 850.7 0.08 800 0.05 0.01 17 8 0.01 28 0.01 7 0.01 0.7 28 0.01
KL16-06 850.7 853.1 0.149 1490 0.05 0.01 23 9 0.01 25 0.01 9 0.01 1.5 19 0.01
KL16-06 853.1 855.2 0.128 1280 0.05 0.01 30 12 0.01 21 0.01 9 0.01 1.7 29 0.01
KL16-06 855.2 856.7 0.33 3300 0.12 0.9 89 12 2 36 1 10 0.01 2.6 62 0.01
KL16-06 856.7 858.5 0.27 2700 0.1 0.7 58 11 1 37 1 8 0.01 2.5 55 0.01
KL16-06 858.5 861.2 0.172 1720 0.06 0.5 58 14 0.01 35 0.01 9 0.01 1.9 46 0.01
KL16-06 861.2 864.2 0.121 1210 0.05 0.01 35 8 0.01 22 0.01 6 0.01 1.3 46 0.01
KL16-06 864.2 867.2 0.104 1040 0.03 0.01 32 8 0.01 19 0.01 7 0.01 1.9 48 0.01
KL16-06 867.2 870.2 0.105 1050 0.03 0.01 31 8 0.01 23 0.01 6 0.01 1.8 28 0.01
KL16-06 870.2 873.2 0.099 990 0.03 0.5 43 7 0.01 18 0.01 7 0.01 1.4 48 0.01
KL16-06 873.2 876.2 0.1 1000 0.02 0.01 34 8 0.01 30 0.01 7 0.01 2.3 44 0.01
KL16-06 876.2 879.2 0.088 880 0.02 0.01 27 8 0.01 29 0.01 5 0.01 2.0 48 0.01
KL16-06 879.2 882.2 0.13 1300 0.03 0.5 22 9 1 34 0.01 5 0.01 2.1 36 0.01
KL16-06 882.2 885.2 0.085 850 0.02 0.01 29 9 0.01 30 0.01 5 0.01 1.4 42 0.01
KL16-06 885.2 888.2 0.113 1130 0.04 0.01 30 8 0.01 51 0.01 7 0.01 1.7 47 0.01
KL16-06 888.2 891.2 0.154 1540 0.05 0.01 33 7 0.01 26 0.01 6 0.01 1.6 40 0.01
KL16-06 891.2 894.2 0.134 1340 0.02 0.6 31 7 0.01 69 0.01 5 0.01 2.2 37 0.01
KL16-06 894.2 897.2 0.157 1570 0.06 0.01 27 6 0.01 36 0.01 7 0.01 1.3 52 0.01
KL16-06 897.2 900.2 0.21 2100 0.1 0.7 28 7 0.01 24 0.01 6 0.01 1.7 40 0.01
KL16-06 900.2 903.2 0.074 740 0.02 0.01 19 7 0.01 18 0.01 5 0.01 0.9 41 0.01
KL16-06 903.2 906.2 0.078 780 0.02 0.01 19 6 0.01 15 0.01 5 0.01 0.8 36 0.01
KL16-06 906.2 909.2 0.088 880 0.03 0.01 20 6 0.01 7 0.01 6 0.01 1.2 41 0.01
KL16-06 909.2 912.2 0.073 730 0.02 0.01 19 7 0.01 39 0.01 6 0.01 1.1 38 0.01
KL16-06 912.2 915.2 0.11 1100 0.03 0.01 20 7 0.01 119 0.01 6 0.01 1.3 34 0.01
KL16-06 915.2 918.2 0.128 1280 0.04 0.01 28 7 0.01 20 0.01 8 0.01 1.6 40 0.01
KL16-06 918.2 921.2 0.097 970 0.02 0.01 24 10 0.01 22 0.01 8 0.2 1.2 45 0.01
KL16-06 921.2 924.2 0.146 1460 0.05 0.01 44 12 0.01 14 0.01 8 0.01 2.0 36 0.01
KL16-06 924.2 927.2 0.129 1290 0.04 0.01 43 10 0.01 17 0.01 7 0.01 1.9 66 0.01



Appendix V - 13 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-06 927.2 930.2 0.061 610 0.03 0.01 27 10 0.01 7 0.01 6 0.01 0.6 60 0.01
KL16-06 930.2 933.2 0.095 950 0.04 0.01 31 12 0.01 7 0.01 5 0.01 1.0 40 0.01
KL16-06 933.2 936.2 0.086 860 0.03 0.01 25 10 0.01 26 0.01 6 0.01 1.4 57 0.01
KL16-06 936.2 939.2 0.08 800 0.03 0.01 20 8 0.01 13 0.01 6 0.01 1.0 65 0.01
KL16-06 939.2 942.2 0.23 2300 0.1 0.01 38 8 0.01 27 0.01 8 0.01 2.3 86 0.01
KL16-06 942.2 944.7 0.129 1290 0.03 0.01 31 10 0.01 28 0.01 8 0.01 2.4 77 0.01
KL16-06 944.7 946.2 1.52 15200 0.61 4.2 218 22 4 8 1 17 0.2 9.5 15 0.01
KL16-06 946.2 948.2 2.11 21100 0.68 4.8 156 12 2 77 0.01 22 0.3 10.2 16 0.01
KL16-06 948.2 951.2 1.84 18400 0.28 5.5 167 11 0.01 59 1 31 0.9 11.0 18 0.01
KL16-06 951.2 954.2 0.86 8600 0.19 3.6 178 18 0.01 22 1 26 1.2 10.8 16 0.01
KL16-06 954.2 957.2 0.77 7700 0.2 3.1 160 17 0.01 8 1 15 0.9 8.0 16 0.01
KL16-06 957.2 959.4 3.01 30100 0.5 8.7 740 16 2 5 2 44 0.3 29.5 17 0.01
KL16-06 959.4 961.5 0.095 950 0.03 0.01 43 13 0.01 17 0.01 4 0.01 1.7 18 0.01
KL16-06 961.5 963.2 0.098 980 0.02 0.01 35 12 0.01 18 0.01 6 0.01 2.0 36 0.01
KL16-06 963.2 966.2 0.064 640 0.01 0.01 22 14 0.01 9 0.01 5 0.01 1.6 28 0.01
KL16-06 966.2 969.2 0.091 910 0.01 0.01 70 24 0.01 26 0.01 9 0.01 2.9 29 0.01
KL16-06 969.2 970.6 0.122 1220 0.02 0.01 70 20 0.01 53 0.01 5 0.01 2.2 36 0.01
KL16-06 970.6 972.2 0.77 7700 0.16 2.6 152 16 4 7 0.01 23 0.01 5.9 18 0.01
KL16-06 972.2 975.2 0.42 4200 0.11 0.9 170 13 0.01 3 0.01 12 0.01 3.4 17 0.01
KL16-06 975.2 978.2 0.42 4200 0.09 1.4 169 10 0.01 4 0.01 14 0.01 7.8 14 0.01
KL16-06 978.2 981.2 0.45 4500 0.07 1.6 148 12 0.01 3 0.01 11 0.4 8.4 9 0.01
KL16-06 981.2 984.2 0.59 5900 0.14 3 188 15 4 12 1 10 0.4 4.2 10 0.01
KL16-06 984.2 987.2 0.8 8000 0.18 3 186 15 0.01 3 0.01 15 0.01 8.5 10 0.01
KL16-06 987.2 990.2 1.24 12400 0.27 4.7 680 13 0.01 23 0.01 24 0.4 11.9 23 0.01
KL16-06 990.2 993.2 0.55 5500 0.11 1.5 300 12 0.01 48 0.01 13 0.2 10.9 16 0.01
KL16-06 993.2 996.2 0.64 6400 0.41 2.2 369 58 26 35 0.01 15 1.4 13.4 14 0.01
KL16-06 996.2 999.2 0.74 7400 0.15 2.8 387 22 9 30 0.01 12 0.2 6.8 14 0.01
KL16-06 999.2 1002.2 0.56 5600 0.13 2.8 372 12 0.01 7 0.01 10 0.01 6.3 15 0.01
KL16-06 1002.2 1005.2 0.55 5500 0.14 2.2 381 11 0.01 15 0.01 10 0.01 9.6 15 0.01
KL16-06 1005.2 1008.2 0.32 3200 0.1 0.8 160 11 2 4 0.01 6 0.01 12.7 14 0.01
KL16-06 1008.2 1011.2 0.78 7800 0.17 2 203 15 0.01 4 0.01 14 0.4 14.0 16 0.01
KL16-06 1011.2 1014.2 0.51 5100 0.1 1.4 175 9 0.01 6 0.01 9 0.01 11.1 11 0.01
KL16-06 1014.2 1017.2 0.59 5900 0.1 1.6 183 10 0.01 18 0.01 5 0.01 9.6 8 0.01
KL16-06 1017.2 1020.2 0.284 2840 0.07 0.9 137 12 0.01 9 0.01 3 0.01 5.8 12 0.01
KL16-06 1020.2 1023.2 0.31 3100 0.16 1 125 11 0.01 17 0.01 8 0.01 5.7 15 0.01
KL16-06 1023.2 1026.2 0.51 5100 0.17 1.3 211 10 0.01 5 0.01 8 0.01 6.7 13 0.01
KL16-06 1026.2 1029.2 0.53 5300 0.19 1.6 238 27 2 10 1 12 0.01 6.0 16 0.01
KL16-06 1029.2 1032.2 0.55 5500 0.21 2 301 15 4 3 1 11 0.01 4.8 17 0.01
KL16-06 1032.2 1035.2 0.59 5900 0.17 1.6 159 0.01 2 53 0.01 13 0.01 4.7 15 0.01
KL16-06 1035.2 1038.2 0.148 1480 0.04 0.01 61 0.01 2 2 0.01 10 0.01 1.5 16 0.01
KL16-06 1038.2 1041.2 0.2 2000 0.06 0.9 41 0.01 1 16 0.01 9 0.01 2.6 11 0.01
KL16-06 1041.2 1044.2 0.35 3500 0.13 1.4 80 18 5 6 2 7 1.6 3.5 9 0.01
KL16-06 1044.2 1047.2 0.075 750 0.01 0.01 23 0.01 2 7 0.01 3 0.01 0.9 12 0.01
KL16-06 1047.2 1049.2 0.131 1310 0.03 0.01 22 0.01 2 5 0.01 2 0.01 1.3 26 0.01
KL16-06 1049.2 1051.2 0.45 4500 0.1 1.4 174 7 3 2 0.01 8 0.01 3.9 26 0.01
KL16-07 0 3 1.02 10200 0.83 1.4 110 54 15 117 0.01 12 0.4 12.5 21 0.01
KL16-07 3 6 0.72 7200 0.59 0.9 132 42 16 195 0.01 12 0.01 9.8 19 0.01
KL16-07 6 9 0.78 7800 0.58 0.5 128 31 15 286 2 14 0.01 16.0 22 0.01
KL16-07 9 12 1.03 10300 0.57 1 173 39 22 46 0.01 14 0.01 16.8 18 0.01
KL16-07 12 15 1.66 16600 0.72 1.8 214 45 33 212 0.01 34 0.01 31.0 24 0.01
KL16-07 15 18 0.63 6300 0.65 0.9 125 17 59 102 0.01 14 0.01 17.8 15 0.01
KL16-07 18 21 0.41 4100 0.85 1.8 850 440 33 840 1 11 1.6 19.8 178 0.01
KL16-07 21 25.5 0.421 4210 0.68 1.8 1700 860 61 271 0.01 10 1.3 18.3 239 0.01
KL16-07 25.5 28.5 0.36 3600 0.53 1.7 720 346 94 71 0.01 10 1.8 25.5 215 0.01
KL16-07 28.5 31.3 0.351 3510 0.86 2 379 92 63 870 0.01 13 0.5 19.8 213 0.01
KL16-07 31.3 33.6 0.177 1770 0.32 0.8 165 19 16 1030 0.01 11 0.2 22.3 188 0.01
KL16-07 33.6 35.7 0.145 1450 0.34 0.5 63 21 15 263 0.01 24 0.2 15.3 98 0.01
KL16-07 35.7 38.5 1.13 11300 2.05 1.6 690 46 20 197 0.01 76 0.6 46.2 97 0.01
KL16-07 38.5 41.5 1.41 14100 1.08 1.7 450 5 10 278 0.01 38 0.01 25.0 23 0.01
KL16-07 41.5 44.5 0.68 6800 0.63 1.1 500 7 10 127 0.01 31 0.01 14.8 26 0.01
KL16-07 44.5 47.5 0.42 4200 0.55 1.2 3200 11 12 39 0.01 25 0.01 19.8 41 0.01
KL16-07 47.5 50.5 0.71 7100 1.08 2.2 3700 45 22 161 0.01 35 0.3 41.3 38 0.01
KL16-07 50.5 52.9 0.491 4910 5.19 1 313 20 36 124 1 26 0.01 16.3 20 0.01



Appendix V - 14 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-07 52.9 55 2.69 26900 4.35 3.5 6500 5 16 128 2 40 0.2 43.8 21 0.01
KL16-07 55 57.3 3.79 37900 2.33 3.8 2700 9 64 203 2 41 0.01 129.0 47 0.01
KL16-07 57.3 59.5 2.06 20600 3.59 2.4 291 14 14 202 1 51 0.01 72.2 55 0.01
KL16-07 59.5 62.6 4.3 43000 6.52 5.4 235 15 14 85 3 40 0.01 32.5 60 0.01
KL16-07 62.6 65.7 1.43 14300 2.91 2 139 22 6 96 0.01 43 0.01 29.3 51 0.01
KL16-07 65.7 67.7 0.8 8000 0.73 1 77 23 4 15 0.01 8 0.01 16.3 104 0.01
KL16-07 67.7 69.4 3.98 39800 2.25 2.7 171 11 3 67 0.01 50 0.01 38.8 32 0.01
KL16-07 69.4 71.1 2.42 24200 3.83 2.7 96 14 3 28 0.01 41 0.01 66.8 43 0.01
KL16-07 71.1 74.2 1.97 19700 0.76 2 101 34 11 34 0.01 9 0.4 27.0 88 0.01
KL16-07 74.2 76.5 0.512 5120 1.34 1.8 95 61 2 8 0.01 19 0.01 18.5 47 0.01
KL16-07 76.5 79.5 1.49 14900 2.11 1.7 276 29 12 85 0.01 20 0.01 29.5 77 0.01
KL16-07 79.5 82.5 2.59 25900 2.75 2.9 163 28 11 1125 0.01 32 0.01 27.5 82 0.01
KL16-07 82.5 85.5 2.29 22900 1.63 3.8 450 51 33 98 0.01 15 0.6 21.5 90 0.01
KL16-07 85.5 88.2 4.04 40400 4.61 5.1 149 23 46 192 2 24 0.6 18.5 86 0.01
KL16-07 88.2 90.7 1.23 12300 2.04 4.4 246 135 40 151 0.01 5 0.8 5.0 54 0.1
KL16-07 90.7 92.5 0.25 2500 0.36 0.7 29 8 2 115 0.01 10 0.01 2.8 59 0.01
KL16-07 92.5 95.5 1.69 16900 0.85 5.4 46 24 22 77 4 10 0.3 6.0 59 0.01
KL16-07 95.5 98.5 2.93 29300 0.95 9.1 64 48 22 39 5 16 0.3 3.3 56 0.12
KL16-07 98.5 101.5 2.7 27000 0.92 8.9 49 37 26 31 5 11 0.2 5.5 49 0.01
KL16-07 101.5 104.5 2.23 22300 0.78 5.6 70 45 21 30 4 5 0.01 3.7 68 0.01
KL16-07 104.5 107.5 0.78 7800 0.34 2.2 13 13 15 39 7 4 0.01 6.0 61 0.1
KL16-07 107.5 110.5 1.69 16900 0.93 3.8 14 16 36 55 4 6 0.2 2.5 58 0.01
KL16-07 110.5 113.5 1.55 15500 1.12 4 29 14 30 76 3 4 0.6 2.3 55 0.01
KL16-07 113.5 116.5 1.37 13700 1.2 3.5 36 20 3 24 4 6 0.3 7.0 45 0.01
KL16-07 116.5 119.5 1.15 11500 1.29 3.4 42 20 19 30 4 5 0.01 9.1 61 0.01
KL16-07 119.5 122.5 1.27 12700 1.7 3.1 23 16 16 25 5 5 0.01 5.8 45 0.01
KL16-07 122.5 125.5 1.32 13200 1.55 2.7 24 14 20 66 7 6 0.3 4.3 53 0.01
KL16-07 125.5 128.5 0.71 7100 1.12 2 30 16 21 32 7 6 0.01 5.0 48 0.01
KL16-07 128.5 131.5 1.29 12900 1.73 2.8 32 15 33 73 8 7 0.01 5.3 36 0.01
KL16-07 131.5 134 1.06 10600 1.39 2.4 27 10 20 40 5 5 0.01 7.3 37 0.01
KL16-07 134 137 0.85 8500 1.96 1.4 81 37 11 113 2 15 0.3 10.5 47 0.01
KL16-07 137 140 0.76 7600 1.6 1.4 80 46 4 86 1 11 0.8 10.4 73 0.01
KL16-07 140 143 1.17 11700 2.08 2.5 29 26 6 83 2 11 0.8 7.5 59 0.01
KL16-07 143 146 0.96 9600 0.78 3.4 28 20 7 249 3 7 0.6 10.8 32 0.01
KL16-07 146 149 0.51 5100 0.63 1.3 80 158 46 55 2 5 1.5 30.0 37 0.01
KL16-07 149 152 1.24 12400 1.16 2.3 53 24 27 20 5 6 0.01 13.5 48 0.01
KL16-07 152 155 0.74 7400 0.87 1.7 41 22 14 23 6 6 0.01 11.3 54 0.01
KL16-07 155 157 0.69 6900 0.51 1.4 146 28 23 66 3 7 0.01 13.9 22 0.01
KL16-07 157 159 0.462 4620 0.5 1 67 84 31 33 4 5 0.3 12.8 27 0.01
KL16-07 159 162 0.675 6750 0.99 1.7 191 118 20 220 2 6 0.4 16.0 42 0.01
KL16-07 162 165 1.35 13500 1.27 2 308 261 82 81 3 9 1.1 18.0 54 0.01
KL16-07 165 168 1.09 10900 2.04 2.2 74 73 26 72 3 8 0.7 14.7 71 0.01
KL16-07 168 171 0.83 8300 1.04 1.2 62 37 14 68 2 11 1.2 10.5 60 0.01
KL16-07 171 172.9 1.01 10100 1 2 319 141 13 62 2 12 0.6 7.8 70 0.01
KL16-07 172.9 175.3 0.79 7900 0.79 1.6 91 63 10 36 2 8 0.6 5.3 63 0.01
KL16-07 175.3 177.3 1.67 16700 2.22 3.2 35 16 9 204 1 17 0.5 6.0 64 0.01
KL16-07 177.3 180 0.86 8600 2.16 1.7 21 12 5 167 1 12 0.4 7.8 45 0.01
KL16-07 180 183 0.92 9200 2.27 2.7 399 275 36 57 4 5 3.7 11.4 36 0.01
KL16-07 183 186 0.66 6600 1 1.3 58 50 9 47 1 7 0.6 8.5 51 0.01
KL16-07 186 189 0.65 6500 0.89 1.4 41 15 5 87 0.01 13 0.4 8.8 61 0.01
KL16-07 189 192 1 10000 0.92 1.8 100 37 5 132 0.01 16 0.5 5.5 63 0.01
KL16-07 192 195 1.27 12700 0.72 2.6 80 31 8 510 0.01 13 0.5 7.0 70 0.01
KL16-07 195 198 0.98 9800 0.74 2.1 70 40 9 316 0.01 13 0.3 7.8 57 0.01
KL16-07 198 201 0.6 6000 0.45 0.01 46 36 7 203 1 11 0.6 5.5 50 0.01
KL16-07 201 204 0.57 5700 0.37 0.01 32 9 8 146 1 13 0.3 9.5 57 0.01
KL16-07 204 207 0.57 5700 0.62 1.6 62 37 6 189 0.01 11 0.3 7.8 62 0.01
KL16-07 207 210 1.05 10500 1.17 1.3 78 28 13 204 1 17 0.6 9.0 63 0.01
KL16-07 210 213 0.57 5700 0.52 0.7 97 45 10 206 1 16 0.6 8.8 66 0.01
KL16-07 213 216 0.94 9400 1.13 1.4 65 22 8 147 1 11 0.3 5.0 60 0.01
KL16-07 216 219 0.9 9000 1.23 1.4 56 16 7 67 1 17 0.4 7.6 53 0.01
KL16-07 219 222 0.6 6000 0.89 0.7 78 54 9 1040 1 16 0.3 7.3 65 0.01
KL16-07 222 225 1.15 11500 1.32 1.8 45 14 21 362 0.01 16 0.5 10.3 64 0.01
KL16-07 225 228 0.72 7200 0.8 1.2 46 19 17 109 0.01 20 0.3 13.5 70 0.01



Appendix V - 15 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-07 228 231 0.68 6800 0.45 2 42 16 10 408 0.01 18 0.3 15.5 56 0.01
KL16-07 231 233 0.485 4850 0.47 0.5 39 16 8 412 0.01 14 0.2 12.8 53 0.01
KL16-07 233 237 0.39 3900 0.36 1.3 57 30 20 47 0.01 14 0.01 8.0 52 0.01
KL16-07 237 240 0.74 7400 0.71 1.2 55 15 8 93 0.01 13 0.4 6.5 62 0.01
KL16-07 240 243 0.5 5000 0.52 0.01 51 13 8 50 0.01 10 0.01 5.0 67 0.01
KL16-07 243 246.7 0.322 3220 0.3 0.01 142 17 19 53 0.01 10 0.01 6.3 70 0.01
KL16-07 246.7 249 0.486 4860 0.61 1.2 72 16 4 32 0.01 14 0.01 10.5 65 0.01
KL16-07 249 252 0.327 3270 0.21 0.01 57 17 6 115 0.01 16 0.01 6.1 73 0.01
KL16-07 252 255 0.26 2600 0.45 0.6 60 17 9 14 0.01 7 0.01 4.0 68 0.01
KL16-07 255 258 0.321 3210 0.44 9.3 59 18 9 25 0.01 9 0.01 4.5 62 0.01
KL16-07 258 261.5 0.67 6700 0.63 1.7 87 23 5 42 0.01 15 0.01 12.2 83 0.01
KL16-07 261.5 264.7 0.337 3370 0.25 0.7 129 40 6 17 0.01 7 0.01 4.8 72 0.01
KL16-07 264.7 267 0.73 7300 1.79 1.7 75 26 2 23 2 6 0.01 5.3 118 0.01
KL16-07 267 270 0.78 7800 0.83 2.3 39 37 30 7 1 3 0.5 6.1 107 0.01
KL16-07 270 273 0.513 5130 0.65 0.01 63 23 6 8 1 3 0.01 3.3 96 0.01
KL16-07 273 276 0.422 4220 0.32 0.01 57 26 12 5 1 3 0.01 3.0 114 0.01
KL16-07 276 280.5 0.555 5550 0.42 2.2 101 54 23 3 1 3 0.7 3.7 91 0.01
KL16-07 280.5 283.8 0.55 5500 0.33 1.1 39 17 70 7 1 3 0.9 4.5 119 0.01
KL16-07 283.8 286.8 0.41 4100 0.29 1.3 121 130 370 5 1 2 2.1 2.5 121 0.28
KL16-07 286.8 289.3 0.24 2400 0.48 0.8 378 112 94 5 0.01 3 1 3.0 117 0.26
KL16-07 289.3 292.8 0.36 3600 0.72 0.01 114 40 140 16 0.01 4 0.7 3.8 92 0.01
KL16-07 292.8 295.5 0.479 4790 0.65 0.01 98 32 71 13 0.01 5 0.3 2.8 83 0.01
KL16-07 295.5 298.5 0.56 5600 0.99 2.8 46 17 37 23 1 7 0.8 4.1 98 0.01
KL16-07 298.5 301.5 0.74 7400 0.93 2.1 56 37 20 8 2 6 2.1 7.5 136 0.01
KL16-07 301.5 304.8 0.24 2400 0.15 0.01 61 18 31 12 2 2 1.4 1.0 128 0.01
KL16-07 304.8 307.8 0.464 4640 0.26 0.01 51 14 37 13 1 3 0.2 3.0 127 0.01
KL16-07 307.8 310.8 0.55 5500 0.42 0.01 112 26 28 6 0.01 2 0.2 4.8 140 0.01
KL16-07 310.8 313.8 0.0107 107 0.01 0.01 61 16 1 4 0.01 16 0.01 0.0 17 0.01
KL16-07 313.8 316.8 0.375 3750 0.46 0.01 102 20 11 7 0.01 3 0.01 2.1 129 0.01
KL16-07 316.8 319.7 0.32 3200 0.27 0.01 770 21 140 3 2 2 6.2 1.8 106 0.1
KL16-07 319.7 322.5 0.68 6800 0.4 0.01 61 28 8 14 2 3 0.6 6.6 123 0.01
KL16-07 322.5 325.7 0.435 4350 0.85 1.4 1310 151 270 7 2 4 14.7 4.5 114 0.01
KL16-07 325.7 328.7 0.63 6300 0.55 1.1 92 27 56 15 3 3 0.5 4.6 49 0.01
KL16-07 328.7 331.5 0.511 5110 0.32 1.1 114 66 110 42 1 4 0.6 4.8 90 0.01
KL16-07 331.5 333 0.64 6400 0.3 1 150 44 31 25 0.01 6 0.3 4.8 94 0.01
KL16-07 333 336 0.59 5900 0.52 1.2 117 59 20 27 1 5 0.7 5.0 72 0.01
KL16-07 336 339 0.54 5400 1.27 1.2 43 21 1 6 1 6 0.01 6.0 141 0.01
KL16-07 339 342 0.513 5130 0.8 1 78 28 1 7 1 5 0.01 4.3 154 0.01
KL16-07 342 345 0.58 5800 0.53 1.1 105 45 1 15 0.01 6 0.01 4.5 133 0.01
KL16-07 345 352.2 0.6 6000 0.56 0.7 49 22 2 9 0.01 4 0.01 4.0 106 0.01
KL16-07 352.2 354.7 0.56 5600 0.73 1.7 81 46 8 41 0.01 4 0.3 5.7 120 0.01
KL16-07 354.7 359 0.57 5700 0.8 0.9 55 23 4 22 0.01 5 0.01 6.0 168 0.01
KL16-07 359 362 0.443 4430 0.33 0.6 63 18 2 53 0.01 7 0.01 3.0 185 0.01
KL16-07 362 364.8 0.368 3680 0.4 0.6 49 13 2 30 0.01 6 0.01 4.0 185 0.01
KL16-07 364.8 367.4 0.265 2650 0.29 0.7 77 53 3 10 0.01 6 0.01 2.8 162 0.01
KL16-07 367.4 368.8 0.296 2960 0.34 1 67 26 1 12 0.01 5 0.01 3.8 150 0.01
KL16-07 368.8 372.1 0.75 7500 0.73 1.2 115 25 5 122 0.01 9 1.4 4.8 105 0.01
KL16-07 372.1 375 0.66 6600 0.41 1 112 53 3 53 0.01 11 0.01 4.5 102 0.01
KL16-07 375 378 0.55 5500 0.44 1 115 29 1 298 0.01 12 0.01 5.0 125 0.01
KL16-07 378 381 0.487 4870 0.39 0.9 240 70 4 95 0.01 9 0.01 5.6 100 0.01
KL16-07 381 383 0.339 3390 0.24 0.9 167 38 2 86 0.01 7 0.01 4.5 116 0.01
KL16-07 383 386.8 0.81 8100 0.61 1.5 194 87 1 131 0.01 9 0.3 4.0 118 0.01
KL16-07 386.8 390 0.78 7800 1.09 1.4 105 25 1 14 0.01 6 0.01 5.3 95 0.01
KL16-07 390 393 0.69 6900 0.77 1.3 96 31 2 35 0.01 11 0.7 6.0 161 0.01
KL16-07 393 396 0.7 7000 0.53 1 86 17 4 76 0.01 12 0.01 5.5 129 0.01
KL16-07 396 399 0.72 7200 0.53 1.4 152 60 0.01 74 0.01 13 1.3 6.0 128 0.01
KL16-07 399 402 0.58 5800 0.48 0.9 114 34 0.01 46 0.01 12 0.01 5.3 160 0.01
KL16-07 402 405 0.84 8400 0.51 1.3 50 23 3 27 0.01 10 0.01 5.8 100 0.01
KL16-07 405 408 0.88 8800 0.93 1.2 136 22 30 30 0.01 8 0.01 7.8 120 0.01
KL16-07 408 411 0.445 4450 0.44 0.9 46 16 4 45 0.01 12 0.01 5.3 112 0.01
KL16-07 411 414 0.472 4720 0.36 1.2 61 50 4 291 0.01 10 0.9 3.6 106 0.01
KL16-07 414 417 0.58 5800 0.37 1 84 32 32 68 0.01 9 0.5 5.5 68 0.01
KL16-07 417 420 0.65 6500 0.33 1.1 132 68 13 141 0.01 9 0.01 5.4 72 0.01



Appendix V - 16 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-07 420 423 0.284 2840 0.16 0.9 168 50 2 38 0.01 8 0.01 3.3 72 0.01
KL16-07 423 426 0.385 3850 0.3 1 125 25 2 47 0.01 11 0.01 6.1 68 0.01
KL16-07 426 428.8 0.49 4900 0.42 0.6 49 26 5 69 1 7 1.4 6.3 128 0.01
KL16-07 428.8 431.9 0.5 5000 0.35 1 68 24 3 77 1 10 0.3 6.3 82 0.01
KL16-07 431.9 435.1 0.76 7600 0.42 1.3 249 30 5 83 1 15 0.8 7.9 98 0.01
KL16-07 435.1 438.1 0.5 5000 0.16 1 154 63 9 115 1 10 1.3 9.2 57 0.01
KL16-07 438.1 441.1 0.44 4400 0.09 0.6 172 57 49 61 1 8 3.2 6.5 84 0.01
KL16-07 441.1 444 0.47 4700 0.14 0.9 158 214 10 45 1 9 1 4.7 121 0.1
KL16-07 444 447.5 0.61 6100 0.3 2.4 63 53 130 44 3 12 7 4.3 31 0.1
KL16-07 447.5 450.5 0.57 5700 0.57 1 148 58 110 85 1 12 2.3 5.8 75 0.1
KL16-07 450.5 453.5 0.75 7500 0.37 1.1 186 93 6 95 0.01 12 0.4 7.6 65 0.01
KL16-07 453.5 456 0.64 6400 0.43 1 359 27 4 71 1 7 0.3 5.5 82 0.01
KL16-07 456 459 0.95 9500 0.46 2.9 112 94 220 107 3 8 3.2 6.0 42 0.01
KL16-07 459 462 0.65 6500 0.53 1.3 83 5 3 166 1 11 0.4 4.8 73 0.01
KL16-07 462 465 0.67 6700 0.67 1.2 156 5 4 80 1 11 0.01 7.0 95 0.01
KL16-07 465 468 0.57 5700 0.19 0.7 56 29 39 33 1 3 0.01 4.9 73 0.01
KL16-07 468 471 0.62 6200 0.47 1.1 42 31 47 45 1 10 0.01 7.0 89 0.01
KL16-07 471 474.5 0.71 7100 0.33 1.2 140 111 150 41 1 8 1.1 4.8 55 0.01
KL16-07 474.5 477.5 0.45 4500 0.25 0.7 149 80 52 84 1 8 0.2 4.5 47 0.01
KL16-07 477.5 480.5 0.43 4300 0.1 1.2 397 286 13 53 1 8 0.7 3.6 54 0.01
KL16-07 480.5 483.7 0.41 4100 0.34 0.01 100 48 2 43 1 8 0.2 4.5 70 0.01
KL16-07 483.7 486.7 0.24 2400 0.17 0.01 79 33 3 37 1 9 0.3 2.0 60 0.01
KL16-07 486.7 489.7 0.45 4500 0.31 0.8 72 23 3 143 1 8 0.01 4.3 71 0.01
KL16-07 489.7 492.7 0.5 5000 0.28 0.8 90 81 2 55 1 8 0.5 4.9 83 0.01
KL16-07 492.7 495.7 0.33 3300 0.17 0.01 85 40 2 35 1 10 0.01 3.5 72 0.01
KL16-07 495.7 498.7 0.27 2700 0.15 0.01 72 31 3 162 0.01 9 0.01 3.5 84 0.01
KL16-07 498.7 501.7 0.33 3300 0.15 0.01 104 36 2 56 0.01 11 0.2 3.8 61 0.01
KL16-07 501.7 504.7 0.34 3400 0.19 0.01 125 58 4 66 0.01 15 0.2 4.8 59 0.01
KL16-07 504.7 507.7 0.45 4500 0.26 0.01 100 27 0.01 32 0.01 13 0.01 5.0 64 0.01
KL16-07 507.7 510.7 0.65 6500 0.25 1 130 58 3 79 1 17 0.3 6.5 67 0.01
KL16-07 510.7 513.7 0.34 3400 0.1 1.8 650 57 8 41 2 13 1 5.8 45 0.01
KL16-07 513.7 516.7 0.27 2700 0.11 3.3 83 87 10 35 5 9 2.3 3.0 34 0.1
KL16-07 516.7 519.7 0.191 1910 0.1 8 3410 6500 250 79 12 8 40 3.1 33 0.64
KL16-07 519.7 521.7 0.31 3100 0.06 3.7 124 88 160 49 8 10 3.4 3.8 24 0.1
KL16-07 521.7 525 0.177 1770 0.05 1.4 2290 96 240 25 6 7 15.3 3.0 39 0.14
KL16-07 525 535.3 0.25 2500 0.06 2.6 278 105 410 28 7 8 42 3.0 43 0.2
KL16-07 535.3 538.3 0.28 2800 0.05 1.3 214 47 110 32 4 10 24 3.0 41 0.01
KL16-07 538.3 541.3 0.27 2700 0.11 0.7 250 160 15 39 1 10 1.4 3.6 75 0.01
KL16-07 541.3 544.5 0.73 7300 0.16 1.4 102 80 14 79 1 9 1.1 6.3 68 0.01
KL16-07 544.5 547.5 0.48 4800 0.12 1.2 148 69 4 70 1 15 0.5 5.0 75 0.01
KL16-07 547.5 550.5 0.42 4200 0.11 1.6 337 128 7 56 2 15 1.2 3.8 85 0.01
KL16-07 550.5 553.5 0.24 2400 0.06 0.6 253 227 3 35 1 10 0.01 4.0 61 0.01
KL16-07 553.5 556.5 0.157 1570 0.03 0.5 520 265 4 33 1 12 0.4 3.8 65 0.01
KL16-07 556.5 559.5 0.27 2700 0.06 0.01 186 130 4 40 0.01 11 0.3 2.8 78 0.01
KL16-07 559.5 563 0.164 1640 0.03 0.01 480 127 12 25 1 9 1.1 2.0 59 0.01
KL16-07 563 566 0.134 1340 0.03 1.2 1520 900 15 55 2 6 1.8 1.7 51 0.01
KL16-07 566 569 0.157 1570 0.03 0.01 430 620 3 34 1 11 0.2 2.0 88 0.01
KL16-07 569 572 0.185 1850 0.03 0.01 500 505 6 30 2 9 0.5 3.6 55 0.01
KL16-07 572 575 0.133 1330 0.05 0.01 266 210 2 25 1 7 0.4 2.4 56 0.01
KL16-07 575 578 0.17 1700 0.05 0.01 403 61 3 63 1 5 0.2 1.5 179 0.01
KL16-07 578 581 0.142 1420 0.04 0.01 203 91 3 96 1 5 0.3 2.0 138 0.01
KL16-07 581 584 0.112 1120 0.05 0.01 181 58 4 45 1 6 0.01 0.5 147 0.01
KL16-07 584 587 0.24 2400 0.1 1.1 204 67 13 25 1 6 0.8 3.0 162 0.01
KL16-07 587 590 0.119 1190 0.03 0.01 71 36 6 21 0.01 13 0.5 1.3 108 0.01
KL16-07 590 593 0.094 940 0.05 0.01 79 40 5 15 0.01 10 0.01 2.0 157 0.01
KL16-07 593 596 0.149 1490 0.07 0.01 116 34 7 18 0.01 8 0.6 2.8 141 0.01
KL16-07 596 599 0.23 2300 0.07 0.01 153 43 1 12 0.01 10 0.3 2.8 200 0.01
KL16-07 599 602 0.095 950 0.08 0.01 142 70 0.01 34 1 8 0.01 0.8 198 0.01
KL16-07 602 605 0.192 1920 0.11 0.01 82 19 3 24 1 8 0.2 0.8 173 0.01
KL16-07 605 608 0.31 3100 0.08 1.6 1100 93 18 20 1 10 7.9 3.6 245 0.1
KL16-07 608 611 0.23 2300 0.06 1 351 188 1 18 1 6 0.5 2.7 231 0.01
KL16-07 611 614 0.31 3100 0.16 1.2 108 21 3 18 1 8 0.01 1.5 217 0.01
KL16-07 614 617 0.49 4900 0.07 3.5 142 126 78 23 2 6 13 1.8 280 0.01



Appendix V - 17 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-07 617 620 0.45 4500 0.27 1.6 164 28 44 20 1 7 6.4 4.3 212 0.01
KL16-07 620 623 0.5 5000 0.22 1.4 119 17 2 23 0.01 11 0.9 4.8 309 0.01
KL16-07 623 626 0.33 3300 0.14 1.3 203 31 8 15 1 9 1.3 2.8 150 0.01
KL16-07 626 629 0.35 3500 0.06 1.6 730 89 47 22 1 6 1.7 2.8 78 0.01
KL16-07 629 632 0.32 3200 0.06 3 590 113 21 15 2 6 1.7 3.1 89 0.1
KL16-07 632 635 0.304 3040 0.06 0.01 189 40 4 28 0.01 8 0.4 4.9 54 0.01
KL16-07 635 638 0.438 4380 0.11 0.8 29 9 8 12 1 5 0.01 2.9 69 0.01
KL16-07 638 641 0.228 2280 0.12 0.01 54 15 1 26 0.01 14 0.01 3.1 61 0.01
KL16-07 641 644 0.157 1570 0.03 0.01 46 19 0.01 24 0.01 5 0.01 1.0 93 0.01
KL16-07 644 647 0.14 1400 0.04 0.01 44 17 0.01 32 0.01 7 0.01 2.3 67 0.01
KL16-07 647 650 0.119 1190 0.02 0.01 312 130 2 34 0.01 6 0.5 1.3 73 0.01
KL16-07 650 652.3 0.114 1140 0.02 0.01 30 12 0.01 25 0.01 7 0.3 1.4 96 0.01
KL16-07 652.3 654 0.121 1210 0.04 0.01 101 40 2 29 0.01 8 0.3 2.0 58 0.01
KL16-07 654 656 0.154 1540 0.05 0.01 64 30 4 21 0.01 8 1.1 1.8 77 0.01
KL16-07 656 659 0.233 2330 0.07 0.01 73 30 3 60 0.01 8 0.7 3.8 57 0.01
KL16-07 659 662 0.268 2680 0.11 1.5 140 30 26 19 1 4 1.9 1.0 50 0.1
KL16-07 662 665 0.342 3420 0.08 0.8 311 69 18 40 1 8 1.1 3.2 59 0.01
KL16-07 665 668 0.229 2290 0.18 0.8 266 71 1 27 0.01 9 0.01 4.6 96 0.01
KL16-07 668 671 0.229 2290 0.04 1.3 540 175 56 40 1 9 5.9 2.5 59 0.1
KL16-07 671 674 0.14 1400 0.03 1.7 1610 154 25 33 1 6 1.3 0.8 58 0.01
KL16-07 674 677 0.279 2790 0.07 3.2 3060 180 16 30 3 8 0.8 2.0 51 0.1
KL16-07 677 678.4 0.19 1900 0.05 1.6 410 126 3 20 1 12 0.3 1.9 99 0.01
KL16-08 0 3 0.93 9300 0.76 1.1 74 50 9 690 0.01 13 0.7 10.0 23 0.01
KL16-08 3 6 0.84 8400 1.34 1 48 34 12 285 0.01 13 0.2 10.3 20 0.01
KL16-08 6 9 0.85 8500 0.77 1.2 63 30 20 314 0.01 14 0.6 14.5 26 0.01
KL16-08 9 12 1.05 10500 1.24 0.7 56 23 25 46 1 15 0.01 17.5 13 0.01
KL16-08 12 15 1.11 11100 0.95 1.2 84 31 17 540 0.01 17 0.01 14.5 17 0.01
KL16-08 15 18 1.06 10600 1.89 1.2 80 24 14 84 0.01 21 0.01 22.5 13 0.01
KL16-08 18 21 0.74 7400 0.97 0.9 157 34 17 870 0.01 12 0.3 13.0 36 0.01
KL16-08 21 24 0.55 5500 2.21 1.3 191 16 25 1340 0.01 12 0.8 23.5 79 0.01
KL16-08 24 27 0.72 7200 1.07 3.7 590 1140 37 530 0.01 11 1.2 38.0 56 0.01
KL16-08 27 30 0.36 3600 0.95 1.1 141 40 20 456 0.01 10 1.5 20.5 58 0.01
KL16-08 30 33 0.39 3900 0.74 1.3 2010 1960 26 1890 0.01 12 0.7 25.4 87 0.17
KL16-08 33 35 0.33 3300 0.52 0.01 402 214 8 930 0.01 18 0.7 14.7 115 0.01
KL16-08 35 37.5 0.65 6500 0.7 0.9 382 30 12 181 0.01 22 0.2 11.8 24 0.01
KL16-08 37.5 40.5 1.16 11600 0.89 1.4 2980 15 9 171 0.01 57 0.01 20.0 18 0.01
KL16-08 40.5 43.5 0.51 5100 0.47 0.01 148 15 8 137 0.01 27 0.01 9.5 17 0.01
KL16-08 43.5 46.5 0.43 4300 0.4 0.01 109 16 9 82 0.01 23 0.01 9.8 32 0.01
KL16-08 46.5 49.5 0.27 2700 0.33 0.01 163 16 12 42 0.01 18 0.01 5.3 26 0.01
KL16-08 49.5 51 0.34 3400 0.32 0.01 175 28 9 37 0.01 15 0.01 5.9 28 0.01
KL16-08 51 54 0.78 7800 0.74 0.6 268 24 6 27 0.01 22 0.5 7.8 22 0.01
KL16-08 54 57 0.51 5100 0.81 0.6 130 36 8 11 0.01 13 0.3 9.3 37 0.01
KL16-08 57 60 1.4 14000 1.89 1.7 132 19 12 86 0.01 33 0.01 23.3 28 0.01
KL16-08 60 63 0.71 7100 0.6 0.6 157 10 6 79 0.01 26 0.01 12.0 19 0.01
KL16-08 63 66 0.5 5000 0.65 0.01 66 12 4 54 0.01 20 0.01 12.5 23 0.01
KL16-08 66 68.2 0.52 5200 0.63 0.6 82 12 13 273 1 17 0.01 11.0 26 0.01
KL16-08 68.2 70.2 0.67 6700 0.59 0.9 65 11 13 77 0.01 46 0.01 46.0 24 0.01
KL16-08 70.2 73.2 2.03 20300 2.5 2.6 108 24 19 135 0.01 28 0.01 22.5 19 0.01
KL16-08 73.2 75.1 1.04 10400 1.41 2 132 14 10 131 0.01 34 0.01 24.5 38 0.01
KL16-08 75.1 77.4 4.1 41000 3.06 4.8 322 30 2 96 0.01 58 0.01 15.0 32 0.01
KL16-08 77.4 78.9 1.74 17400 2.07 2 109 19 14 220 0.01 31 0.01 20.8 41 0.01
KL16-08 78.9 81.7 1.73 17300 1.89 2.6 123 20 8 130 0.01 42 0.01 27.5 69 0.01
KL16-08 81.7 84 1.75 17500 2.28 1.5 84 16 0.01 23 0.01 24 0.01 15.5 39 0.01
KL16-08 84 87 2.45 24500 2.81 2.6 92 16 4 57 1 24 0.01 13.8 40 0.01
KL16-08 87 90 3.89 38900 2.3 3.2 90 14 0.01 169 1 30 0.2 23.1 46 0.01
KL16-08 90 93 2.69 26900 2.89 2.8 185 16 2 109 2 35 0.01 17.5 70 0.01
KL16-08 93 96 1.78 17800 3.12 2 58 20 6 150 0.01 24 0.01 14.5 81 0.01
KL16-08 96 99 1.3 13000 1.65 1.4 114 27 4 399 0.01 27 0.4 13.0 87 0.01
KL16-08 99 102 3.02 30200 4.05 3.1 109 34 5 48 1 30 0.9 24.4 75 0.01
KL16-08 102 105 2.74 27400 2.89 3.5 135 26 6 94 0.01 24 0.4 16.3 93 0.01
KL16-08 105 108 0.37 3700 0.59 2.2 810 180 180 13 0.01 3 7.3 5.1 100 0.18
KL16-08 108 111 0.89 8900 1.81 3.7 367 165 470 293 1 4 12.3 8.4 66 0.12
KL16-08 111 114 0.32 3200 0.66 0.6 51 35 35 221 0.01 3 0.5 5.0 115 0.1



Appendix V - 18 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-08 114 117 0.37 3700 0.68 0.01 196 123 19 282 0.01 3 1.1 6.5 82 0.01
KL16-08 117 120 1.65 16500 2.48 2 76 53 21 91 2 6 0.7 25.5 105 0.01
KL16-08 120 123 1.51 15100 1.98 2.5 57 46 20 61 3 8 1.1 22.0 117 0.01
KL16-08 123 126 1.68 16800 2.68 3.7 96 72 16 52 3 6 0.5 24.5 77 0.14
KL16-08 126 129 2.45 24500 1.09 5.3 298 282 31 55 9 5 1.3 27.6 111 0.1
KL16-08 129 132 1.1 11000 0.83 1.3 80 82 30 33 4 4 0.3 14.0 47 0.01
KL16-08 132 135 0.83 8300 0.73 1.1 285 316 65 25 2 4 2.1 8.1 42 0.1
KL16-08 135 137.5 0.72 7200 0.98 0.01 113 60 16 141 1 5 0.6 9.8 47 0.01
KL16-08 137.5 140.5 0.68 6800 0.82 0.01 38 46 22 41 1 4 0.4 11.8 43 0.01
KL16-08 140.5 143.5 0.94 9400 1.04 1.5 69 64 9 58 2 7 0.01 9.5 57 0.01
KL16-08 143.5 146.9 0.89 8900 0.71 0.7 349 372 15 47 2 6 0.5 9.9 103 0.01
KL16-08 146.9 150 1.07 10700 1.36 2 103 225 73 28 3 7 2.3 27.3 87 0.01
KL16-08 150 153 1.2 12000 1.13 0.01 39 36 22 48 0.01 6 1.4 15.5 93 0.01
KL16-08 153 156 0.72 7200 1.14 0.01 138 59 34 39 1 7 1.2 14.5 75 0.01
KL16-08 156 159 1.3 13000 1.16 3 230 159 68 28 1 7 2.6 18.0 82 0.1
KL16-08 159 162 0.63 6300 0.83 0.01 194 140 22 57 0.01 6 0.8 12.3 75 0.01
KL16-08 162 165 1.21 12100 3.44 0.01 37 31 3 38 1 10 0.01 12.7 80 0.01
KL16-08 165 167.3 1.19 11900 1.18 0.8 40 36 6 19 1 9 0.01 15.5 67 0.01
KL16-08 167.3 169.5 0.91 9100 1.7 0.01 39 41 8 44 0.01 10 0.01 12.0 47 0.01
KL16-08 169.5 172.5 0.97 9700 1.21 0.01 148 130 6 25 1 9 0.3 10.3 60 0.01
KL16-08 172.5 175.6 1.54 15400 1.25 1.3 295 191 9 33 0.01 8 0.4 8.0 60 0.01
KL16-08 175.6 178.7 1.16 11600 3.06 1.5 51 34 11 95 1 10 0.5 16.0 63 0.01
KL16-08 178.7 181.5 0.81 8100 1.36 0.01 33 13 10 86 0.01 8 0.01 8.1 73 0.01
KL16-08 181.5 183.9 0.0122 122 0.01 0.01 69 19 2 2 0.01 13 0.01 0.0 20 0.01
KL16-08 183.9 186 0.67 6700 0.81 0.01 80 36 4 66 0.01 11 0.01 8.3 60 0.01
KL16-08 186 189 0.54 5400 0.4 1.1 126 63 8 76 0.01 10 0.5 6.3 102 0.01
KL16-08 189 192 0.82 8200 0.82 0.01 43 9 5 104 0.01 11 0.2 8.3 100 0.01
KL16-08 192 195 1.07 10700 0.72 0.01 26 5 5 251 0.01 16 0.01 15.0 108 0.01
KL16-08 195 198 0.68 6800 0.92 0.01 36 22 6 43 3 8 0.01 16.3 128 0.01
KL16-08 198 201 1.33 13300 1.67 1.7 38 15 6 62 1 12 0.01 19.0 124 0.01
KL16-08 201 204 0.85 8500 0.79 0.01 37 11 8 103 0.01 13 0.01 8.8 118 0.01
KL16-08 204 207 1.02 10200 0.73 0.01 48 16 8 218 0.01 20 0.5 11.0 130 0.01
KL16-08 207 210 1.01 10100 0.87 1.1 51 24 15 189 0.01 11 1.3 11.5 105 0.01
KL16-08 210 213 0.49 4900 0.52 0.01 46 20 11 166 0.01 10 0.01 8.3 100 0.01
KL16-08 213 216 0.69 6900 0.55 0.01 107 35 9 199 0.01 12 0.01 8.3 105 0.01
KL16-08 216 219 0.65 6500 0.63 0.01 51 13 4 115 0.01 12 0.01 7.8 75 0.01
KL16-08 219 222 0.61 6100 0.46 0.01 53 18 4 74 0.01 14 0.6 7.3 70 0.01
KL16-08 222 225 0.72 7200 0.92 0.01 55 19 3 160 0.01 10 0.01 7.5 100 0.01
KL16-08 225 228 0.53 5300 0.4 0.01 51 16 2 378 0.01 18 0.01 7.5 70 0.01
KL16-08 228 231 0.42 4200 0.26 0.01 58 14 3 165 0.01 14 0.01 8.0 60 0.01
KL16-08 231 234 0.78 7800 0.52 0.01 71 28 0.01 81 0.01 17 0.01 9.5 78 0.01
KL16-08 234 237 0.81 8100 0.95 0.01 56 15 0.01 75 0.01 13 0.01 7.8 90 0.01
KL16-08 237 240 0.69 6900 0.58 0.8 53 8 0.01 245 0.01 11 0.01 6.5 66 0.01
KL16-08 240 243 0.6 6000 0.54 0.6 57 65 3 127 0.01 16 0.01 7.5 87 0.01
KL16-08 243 246 0.55 5500 0.4 0.01 43 13 1 105 0.01 10 0.01 5.3 84 0.01
KL16-08 246 249 0.62 6200 0.46 0.01 60 18 3 101 0.01 19 0.3 7.0 86 0.01
KL16-08 249 252 0.6 6000 0.48 0.01 68 19 4 111 0.01 17 0.01 6.3 79 0.01
KL16-08 252 255 0.57 5700 0.51 1.3 75 29 7 189 0.01 21 0.9 7.3 93 0.01
KL16-08 255 258 0.68 6800 0.57 0.5 224 164 10 33 0.01 26 0.3 11.5 101 0.01
KL16-08 258 260 0.81 8100 0.51 0.8 154 113 5 176 0.01 20 0.3 9.4 100 0.01
KL16-08 260 262.5 0.9 9000 0.65 1.3 103 43 2 96 0.01 16 0.01 9.0 124 0.01
KL16-08 262.5 265.3 0.68 6800 0.38 0.6 56 18 3 64 0.01 15 0.3 7.5 84 0.01
KL16-08 265.3 268.3 0.75 7500 0.49 1.2 70 16 2 89 0.01 18 0.01 10.8 100 0.01
KL16-08 268.3 271.5 0.73 7300 0.4 0.5 52 12 2 62 0.01 17 0.2 9.8 107 0.01
KL16-08 271.5 274.5 0.51 5100 0.36 0.01 44 7 3 36 0.01 10 0.01 6.3 94 0.01
KL16-08 274.5 277.5 0.29 2900 0.17 0.01 29 9 3 38 0.01 9 0.01 4.1 82 0.01
KL16-08 277.5 280.5 0.5 5000 0.41 1 36 9 0.01 34 0.01 11 0.4 7.4 51 0.01
KL16-08 280.5 284.5 0.289 2890 0.27 0.6 30 12 1 32 0.01 8 0.01 5.2 52 0.01
KL16-08 284.5 287.7 0.361 3610 0.31 0.7 38 10 4 36 0.01 12 0.01 7.0 53 0.01
KL16-08 287.7 290.7 0.64 6400 0.53 1.3 43 8 5 60 0.01 16 0.2 6.5 60 0.01
KL16-08 290.7 292.5 1.59 15900 1.37 2.3 90 17 14 169 1 16 0.4 11.5 63 0.01
KL16-08 292.5 295.5 0.276 2760 0.23 0.8 46 18 15 34 0.01 8 0.5 7.9 71 0.01
KL16-08 295.5 298.5 0.432 4320 0.49 1.2 72 26 8 37 0.01 12 0.2 6.8 65 0.01



Appendix V - 19 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-08 298.5 301.5 0.181 1810 0.25 0.8 52 21 0.01 24 0.01 8 0.01 2.6 66 0.01
KL16-08 301.5 304.5 0.41 4100 0.34 1.2 65 18 5 54 0.01 12 0.2 7.5 57 0.01
KL16-08 304.5 307.5 0.68 6800 0.84 1.3 77 25 6 48 0.01 13 0.01 7.3 57 0.01
KL16-08 307.5 310.5 0.62 6200 0.68 1.7 94 34 7 25 0.01 16 0.3 9.8 58 0.01
KL16-08 310.5 313.5 1.52 15200 1.63 3 520 212 110 142 2 10 3.2 12.8 51 0.01
KL16-08 313.5 316.5 0.304 3040 0.42 0.9 40 28 210 14 1 0.01 2 3.8 31 0.01
KL16-08 316.5 319.5 0.434 4340 0.67 0.9 49 34 32 7 1 0.01 2.4 3.3 62 0.01
KL16-08 319.5 322.5 0.331 3310 0.76 1 48 27 5 19 2 2 1.2 5.1 50 0.01
KL16-08 322.5 325.5 0.302 3020 1.22 0.8 45 17 0.01 14 1 3 0.5 0.0 42 0.01
KL16-08 325.5 328.5 0.193 1930 0.63 0.9 34 17 0.01 16 0.01 0.01 0.4 0.7 56 0.01
KL16-08 328.5 331.5 0.452 4520 0.44 1.3 36 17 5 20 0.01 0.01 0.7 2.8 41 0.01
KL16-08 331.5 334.5 0.54 5400 0.38 2.1 360 900 51 38 1 4 17.5 1.0 39 0.14
KL16-08 334.5 337.5 0.635 6350 0.41 2.1 55 33 36 25 2 3 1.9 6.3 52 0.01
KL16-08 337.5 340.5 0.404 4040 0.29 1.7 56 25 47 13 0.01 2 1.9 2.8 46 0.01
KL16-08 340.5 343.5 0.224 2240 0.2 0.9 37 15 44 6 0.01 2 0.8 1.0 42 0.01
KL16-08 343.5 346.5 0.58 5800 0.8 1.4 35 16 24 18 0.01 2 0.9 4.7 59 0.01
KL16-08 346.5 349.5 0.394 3940 0.38 1.3 205 20 5 34 0.01 8 0.6 1.4 63 0.01
KL16-08 349.5 352.5 0.261 2610 0.23 1 73 22 7 33 0.01 10 0.5 2.8 68 0.01
KL16-08 352.5 355.5 0.391 3910 0.35 2.6 132 65 49 44 0.01 10 19.6 4.4 107 0.01
KL16-08 355.5 358.5 0.412 4120 0.58 1.1 65 21 8 36 1 8 0.3 1.0 105 0.01
KL16-08 358.5 361.5 0.353 3530 0.37 1.2 81 20 13 21 0.01 4 0.6 0.5 43 0.01
KL16-08 361.5 364.5 0.431 4310 0.48 2.2 690 40 170 10 0.01 3 0.8 2.8 43 0.01
KL16-08 364.5 367.5 0.4 4000 0.13 1.9 168 75 160 10 0.01 3 3.7 4.2 52 0.01
KL16-08 367.5 370.5 0.384 3840 0.22 1.6 118 40 39 15 0.01 7 0.6 1.3 52 0.01
KL16-08 370.5 373.5 0.281 2810 0.17 4.7 4290 3630 19 14 0.01 3 2 3.0 55 0.01
KL16-08 373.5 376.5 0.344 3440 0.36 1.5 620 388 12 17 0.01 6 0.4 2.3 61 0.01
KL16-08 376.5 379.5 0.481 4810 0.53 1.7 295 36 46 13 0.01 4 4.4 2.0 70 0.01
KL16-08 379.5 380.3 0.311 3110 0.29 2 181 41 47 4 1 4 15.1 0.5 86 0.01
KL16-09 0 3 0.58 5800 0.46 1 106 30 9 2300 0.01 10 0.7 7.8 24 0.01
KL16-09 3 5.6 0.84 8400 0.77 1.3 96 26 8 232 0.01 12 0.01 5.8 18 0.01
KL16-09 5.6 8.6 0.71 7100 0.61 0.8 62 34 9 142 0.01 12 0.3 8.5 24 0.01
KL16-09 8.6 11.6 0.449 4490 0.85 0.6 56 29 8 331 0.01 8 0.3 5.5 48 0.01
KL16-09 11.6 14.6 0.78 7800 0.76 1.3 39 23 12 265 0.01 11 0.2 6.8 24 0.01
KL16-09 14.6 17.6 0.61 6100 0.66 1 149 24 18 277 1 10 0.5 4.7 24 0.01
KL16-09 17.6 20.6 0.97 9700 1 0.7 66 16 12 360 1 14 0.2 9.3 17 0.01
KL16-09 20.6 23.6 0.89 8900 0.86 1 47 9 7 229 0.01 10 0.01 10.0 14 0.01
KL16-09 23.6 26.6 0.82 8200 1.54 1.3 103 14 27 340 0.01 12 0.5 10.7 41 0.01
KL16-09 26.6 29.6 0.291 2910 1.06 0.5 98 15 15 300 0.01 11 0.8 6.0 86 0.01
KL16-09 29.6 32.6 0.59 5900 1.07 0.8 110 26 9 146 0.01 13 0.6 10.0 50 0.01
KL16-09 32.6 35.6 0.464 4640 0.94 0.9 160 32 10 227 0.01 13 1.2 6.8 60 0.01
KL16-09 35.6 38.6 0.468 4680 0.73 1 170 28 11 345 0.01 15 0.8 9.7 64 0.01
KL16-09 38.6 41.6 0.409 4090 1.36 1.1 820 29 22 238 0.01 13 0.6 12.8 70 0.01
KL16-09 41.6 44.6 0.339 3390 1.47 0.01 110 26 24 287 2 10 0.3 12.0 100 0.01
KL16-09 44.6 47.6 0.435 4350 0.85 1.5 600 680 18 223 0.01 12 0.7 13.4 247 0.01
KL16-09 47.6 50.1 0.242 2420 0.83 0.01 250 56 69 870 0.01 16 2.9 19.0 131 0.01
KL16-09 50.1 53.3 0.356 3560 0.54 1 380 780 16 434 0.01 16 0.5 30.2 160 0.01
KL16-09 53.3 56.5 0.471 4710 0.32 0.6 100 200 7 368 0.01 12 1 12.7 43 0.01
KL16-09 56.5 59.6 0.324 3240 0.22 0.01 67 25 8 460 0.01 18 0.3 6.8 26 0.01
KL16-09 59.6 61.1 0.34 3400 0.76 0.6 120 11 19 760 0.01 15 0.2 5.5 27 0.01
KL16-09 61.1 64.1 1.02 10200 1.05 1.1 70 6 7 149 0.01 22 0.01 7.3 24 0.01
KL16-09 64.1 67.1 1.22 12200 1.06 1.5 82 10 5 650 0.01 25 0.01 12.5 16 0.01
KL16-09 67.1 70.1 1.41 14100 0.68 1.5 270 12 3 510 2 35 0.01 9.3 16 0.01
KL16-09 70.1 73.1 1.09 10900 0.97 0.9 76 6 2 13 0.01 36 0.01 8.0 16 0.01
KL16-09 73.1 76.1 1.12 11200 0.94 1.6 167 18 4 32 0.01 24 0.01 11.7 16 0.01
KL16-09 76.1 79.1 0.74 7400 0.8 1.4 207 9 1 35 0.01 33 0.01 9.0 18 0.01
KL16-09 79.1 82.1 0.78 7800 4.2 1.9 20600 46 33 442 58 55 0.2 12.0 10 0.01
KL16-09 82.1 85.1 1.36 13600 1.75 2 5000 23 22 630 4 61 0.01 15.2 17 0.01
KL16-09 85.1 88.1 1.31 13100 1.44 1.6 372 16 55 1920 3 42 0.01 8.5 24 0.01
KL16-09 88.1 91.1 0.59 5900 0.54 0.8 107 8 5 78 0.01 22 0.01 11.5 26 0.01
KL16-09 91.1 94.1 1.84 18400 2.25 5.5 64 14 1 41 3 15 0.01 8.5 17 0.01
KL16-09 94.1 97.1 0.93 9300 0.92 1.5 86 10 1 452 3 20 0.01 11.0 20 0.01
KL16-09 97.1 100.1 1.78 17800 2.79 1.7 51 13 1 147 0.01 14 0.01 10.5 25 0.01
KL16-09 100.1 102.2 1.75 17500 0.88 3.2 55 14 0.01 6 3 16 0.01 11.7 20 0.01



Appendix V - 20 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-09 102.2 104.6 1.7 17000 2.82 3.9 90 15 1 4 4 17 0.01 8.0 17 0.01
KL16-09 104.6 107.6 1.38 13800 1.28 1.3 1050 7 13 19 1 42 0.01 9.8 23 0.01
KL16-09 107.6 109.9 0.365 3650 0.51 0.01 74 6 20 453 0.01 21 0.01 6.7 19 0.01
KL16-09 109.9 111.9 1.04 10400 1.67 1.2 43 5 8 198 2 12 0.2 6.1 20 0.01
KL16-09 111.9 115.1 3.4 34000 5.26 3.7 72 18 0.01 170 0.01 26 0.01 13.0 23 0.01
KL16-09 115.1 118.1 4.01 40100 4.72 4 80 17 1 20 1 21 0.01 29.0 17 0.01
KL16-09 118.1 121.1 2.21 22100 2.41 2.1 87 16 1 13 0.01 20 0.01 23.0 25 0.01
KL16-09 121.1 124.1 1.39 13900 1.55 1.1 89 10 0.01 85 0.01 22 0.01 18.0 15 0.01
KL16-09 124.1 127.1 2.68 26800 3.61 2.5 80 12 0.01 4 0.01 20 0.01 18.0 10 0.01
KL16-09 127.1 130.1 2.12 21200 2.87 2.8 76 19 0.01 5 5 20 0.01 17.0 13 0.01
KL16-09 130.1 133.1 3.31 33100 7.23 4.2 84 14 0.01 8 12 21 0.01 17.0 20 0.01
KL16-09 133.1 136.1 1.6 16000 5.71 2.8 83 14 0.01 24 9 20 0.01 16.0 17 0.01
KL16-09 136.1 139.1 2.68 26800 3.4 4.7 70 18 1 415 5 20 0.01 20.0 26 0.01
KL16-09 139.1 142.1 1.47 14700 2.04 1.4 89 12 0.01 86 1 20 0.7 12.5 24 0.01
KL16-09 142.1 145.1 1.81 18100 1.57 2.3 63 15 0.01 77 1 23 0.01 17.0 36 0.01
KL16-09 145.1 148.1 2.18 21800 1.42 2.1 40 10 1 38 0.01 22 0.01 21.0 41 0.01
KL16-09 148.1 151.1 1.05 10500 0.69 1.2 54 13 0.01 195 0.01 17 0.01 10.7 49 0.01
KL16-09 151.1 154.1 0.75 7500 0.65 1.7 71 15 0.01 16 1 18 0.01 10.2 38 0.01
KL16-09 154.1 157.1 0.63 6300 0.67 0.9 54 10 3 157 0.01 16 0.01 9.0 49 0.01
KL16-09 157.1 160.1 1.87 18700 3.24 3.1 53 15 4 132 3 20 0.01 18.0 53 0.01
KL16-09 160.1 163.1 1.88 18800 5.36 3.4 74 13 2 10 3 22 0.01 18.7 37 0.01
KL16-09 163.1 166.1 1.06 10600 2.08 2.8 84 21 0.01 167 4 16 0.01 11.5 101 0.01
KL16-09 166.1 169.1 1.1 11000 1.64 3.4 64 18 8 13 5 17 0.01 11.0 43 0.01
KL16-09 169.1 172.1 1.28 12800 2.8 1.5 90 37 11 6 2 21 0.01 15.0 35 0.01
KL16-09 172.1 174.6 1.78 17800 2.87 4.9 146 34 0.01 9 21 26 0.01 16.7 30 0.01
KL16-09 174.6 177.7 2.38 23800 2.1 9.7 142 22 3 31 31 22 0.3 17.0 32 0.01
KL16-09 177.7 180.7 1.96 19600 2.63 5.7 120 10 0.01 21 46 34 0.01 16.0 25 0.01
KL16-09 180.7 183.6 2.89 28900 5.57 5.5 107 14 0.01 28 4 23 0.01 23.0 18 0.01
KL16-09 183.6 187.1 2.84 28400 3.77 2.7 116 15 2 4 3 26 0.01 28.0 17 0.01
KL16-09 187.1 190 1.67 16700 1.88 1.8 64 5 6 26 2 14 0.01 14.7 13 0.01
KL16-09 190 192.9 1.31 13100 2.26 2.4 86 13 0.01 31 5 19 0.01 15.7 45 0.01
KL16-09 192.9 195.1 0.46 4600 0.57 1.1 34 10 2 13 3 12 0.01 7.5 16 0.01
KL16-09 195.1 197.6 1.97 19700 2.58 3.3 60 10 2 132 4 16 0.01 30.0 12 0.01
KL16-09 197.6 200.6 2.2 22000 2.31 2.6 87 8 1 36 1 22 0.01 23.0 19 0.01
KL16-09 200.6 203.6 2.19 21900 2.05 2.7 101 8 1 234 1 23 0.01 19.0 32 0.01
KL16-09 203.6 206.6 1.6 16000 1.1 3.6 95 8 3 174 6 23 0.01 21.0 13 0.01
KL16-09 206.6 209.6 1.54 15400 1.18 7.3 68 8 1 361 26 14 0.01 6.7 24 0.01
KL16-09 209.6 211.9 1.22 12200 0.71 4.3 102 9 6 248 10 17 0.5 14.2 20 0.01
KL16-09 211.9 213.9 1.21 12100 0.14 10.5 176 11 14 44 15 67 1.5 5.7 18 0.01
KL16-09 213.9 216.1 0.508 5080 0.34 5.2 1200 23 14 11 18 9 0.01 2.7 18 0.01
KL16-09 216.1 219.2 0.097 970 0.07 1.7 241 25 11 24 2 7 0.01 1.2 19 0.01
KL16-09 219.2 221.6 0.168 1680 0.21 1.3 204 13 8 59 10 25 0.01 4.0 14 0.01
KL16-09 221.6 226.1 0.282 2820 0.2 0.01 650 12 12 62 19 14 0.4 5.7 12 0.01
KL16-09 226.1 227.9 0.72 7200 0.94 1.8 306 10 11 19 16 39 0.2 9.5 19 0.01
KL16-09 227.9 229.8 1.13 11300 1.46 17.2 408 10 10 15 55 79 0.8 14.2 16 0.01
KL16-09 229.8 235.1 0.042 420 0.02 0.01 960 11 10 3 1 18 0.2 0.0 12 0.01
KL16-09 235.1 239.6 0.81 8100 1.84 12.1 20500 16 7 30 162 49 0.9 21.0 16 0.01
KL16-09 239.6 253.1 0.11 1100 0.23 0.6 330 15 7 10 5 9 0.2 0.0 14 0.01
KL16-09 253.1 256.1 0.055 550 0.06 0.01 1430 20 5 2 0.01 5 0.01 0.0 17 0.01
KL16-09 256.1 257.6 0.059 590 0.09 0.01 790 12 2 8 1 4 0.01 0.0 16 0.01
KL16-09 257.6 260.6 1.13 11300 1.02 4.5 830 30 11 10 12 120 1.2 6.2 31 0.01
KL16-09 260.6 263.6 0.0187 187 0.01 0.01 221 15 6 3 0.01 0.01 0.01 0.0 10 0.01
KL16-09 263.6 266.6 0.017 170 0.01 0.01 223 10 3 3 0.01 3 0.01 0.0 11 0.01
KL16-09 266.6 269.6 0.121 1210 0.04 0.01 700 10 5 2 0.01 10 0.3 0.0 12 0.01
KL16-09 269.6 272.6 0.092 920 0.09 0.01 580 12 7 4 1 11 0.01 0.0 14 0.01
KL16-09 272.6 275.6 0.096 960 0.16 0.01 790 13 5 4 38 5 0.2 3.5 16 0.01
KL16-09 275.6 278.6 0.075 750 0.07 0.01 409 14 12 5 0.01 3 0.01 1.7 13 0.01
KL16-09 278.6 281.6 1.11 11100 0.52 14.9 520 12 9 0.01 3 8 0.4 3.0 12 0.01
KL16-09 281.6 284.6 0.46 4600 0.16 7.1 570 10 15 3 2 30 0.01 0.0 14 0.01
KL16-09 284.6 287.6 0.051 510 0.03 0.01 7300 12 10 7 0.01 45 0.6 5.5 16 0.01
KL16-09 287.6 289.1 0.6 6000 0.12 3.9 6100 19 7 10 4 154 0.7 5.0 25 0.01
KL16-09 289.1 293.6 0.85 8500 1.07 3 220 20 2 13 14 60 0.01 9.5 28 0.01
KL16-09 293.6 296.6 0.47 4700 0.44 0.01 118 17 0.01 10 0.01 10 0.01 4.2 18 0.01



Appendix V - 21 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-09 296.6 299.6 0.57 5700 0.71 1 135 9 0.01 12 0.01 38 0.3 6.8 20 0.01
KL16-09 299.6 302.6 0.91 9100 0.72 1.4 152 8 1 32 0.01 36 0.2 8.0 24 0.01
KL16-09 302.6 305.6 0.75 7500 0.63 1.2 136 14 3 14 0.01 27 0.01 8.5 58 0.01
KL16-09 305.6 308.6 2.06 20600 1.67 3 228 25 14 71 0.01 42 1 14.0 56 0.01
KL16-09 308.6 311.6 2.53 25300 1.71 3.2 281 18 9 12 0.01 67 0.7 35.5 32 0.01
KL16-09 311.6 316.9 1.99 19900 1.1 3.9 284 50 25 134 0.01 54 8.2 13.0 29 0.01
KL16-09 316.9 320.6 1.22 12200 0.73 2.2 147 24 47 67 0.01 40 2.6 7.0 121 0.01
KL16-09 320.6 323.6 1.1 11000 1.04 1.9 197 48 22 21 0.01 46 1.8 8.0 47 0.01
KL16-09 323.6 326.6 1.44 14400 2 1.4 145 13 13 74 0.01 43 0.7 8.0 60 0.01
KL16-09 326.6 330.4 5.09 50900 3.56 5.1 285 13 20 37 0.01 77 0.6 6.3 53 0.01
KL16-09 330.4 333.6 1.76 17600 1.24 2.6 1910 87 19 51 0.01 18 0.9 6.5 99 0.01
KL16-09 333.6 336.6 2.09 20900 1.76 2.4 163 24 23 135 0.01 20 0.01 12.0 286 0.01
KL16-09 336.6 339.6 1.4 14000 1.89 1.9 269 25 30 7 0.01 10 0.2 8.0 86 0.01
KL16-09 339.6 341.3 1.32 13200 1.41 2.7 176 20 15 92 1 9 0.2 5.0 216 0.01
KL16-09 341.3 343.3 2.56 25600 2.4 2.9 206 14 3 112 1 35 0.01 8.0 42 0.01
KL16-09 343.3 346.3 1.34 13400 1.3 1.8 163 22 23 1770 1 9 0.01 7.2 135 0.01
KL16-09 346.3 349.3 0.75 7500 1.09 1.5 262 19 26 800 0.01 6 0.01 4.5 78 0.01
KL16-09 349.3 352.4 1.1 11000 1.59 1.6 113 22 32 87 0.01 10 0.6 6.8 229 0.01
KL16-09 352.4 355.4 0.68 6800 0.97 1.4 159 27 14 769 1 7 0.01 6.8 209 0.01
KL16-09 355.4 358.4 0.58 5800 0.83 1.2 127 23 13 880 0.01 15 0.01 9.1 109 0.01
KL16-09 358.4 361.4 0.62 6200 0.78 1.2 113 30 17 710 0.01 11 0.01 12.2 140 0.01
KL16-09 361.4 364.4 1.46 14600 1.37 2.3 313 48 20 211 1 16 0.01 7.0 90 0.01
KL16-09 364.4 366.7 0.492 4920 0.51 1.4 131 12 7 127 1 20 0.01 7.3 122 0.01
KL16-09 366.7 369.7 0.399 3990 0.2 3.5 4580 3100 21 272 2 18 4.9 17.3 69 0.01
KL16-09 369.7 372.7 0.388 3880 0.5 0.9 203 47 8 173 0.01 13 0.01 3.5 71 0.01
KL16-09 372.7 374.3 0.52 5200 0.34 1.9 550 59 10 87 3 13 0.3 7.3 69 0.01
KL16-09 374.3 377.3 0.299 2990 0.33 1 174 37 6 1100 0.01 13 0.01 6.3 62 0.01
KL16-09 377.3 379 0.197 1970 0.27 0.9 90 27 5 216 0.01 8 0.2 4.0 64 0.01
KL16-09 379 383.6 0.19 1900 0.31 0.8 63 26 5 54 0.01 4 0.3 3.3 63 0.01
KL16-09 383.6 386.6 0.23 2300 0.25 0.9 73 16 7 296 1 15 0.01 4.0 81 0.01
KL16-09 386.6 389.6 0.385 3850 0.41 1.1 151 12 4 134 0.01 15 0.01 4.3 78 0.01
KL16-09 389.6 394.1 0.675 6750 0.85 1.8 263 47 13 2010 1 20 0.4 7.5 116 0.01
KL16-09 394.1 398.6 0.395 3950 0.37 1.2 107 18 3 98 0.01 20 0.01 7.8 91 0.01
KL16-09 398.6 402.6 0.51 5100 0.56 1.2 142 14 4 98 0.01 15 0.01 6.3 89 0.01
KL16-09 402.6 407.6 0.13 1300 0.15 0.7 307 18 5 39 0.01 9 0.01 4.0 63 0.01
KL16-09 407.6 413.6 0.116 1160 0.12 0.8 71 9 5 37 0.01 10 0.01 3.8 62 0.01
KL16-09 413.6 418 0.06 600 0.11 0.7 37 8 3 13 0.01 6 0.01 2.3 60 0.01
KL16-09 418 421 0.08 800 0.1 0.01 48 16 2 15 0.01 5 1.2 1.2 70 0.01
KL16-09 421 424.1 0.049 490 0.08 0.01 42 16 5 28 0.01 5 0.8 1.8 63 0.01
KL16-09 424.1 428.1 0.113 1130 0.12 1.2 38 12 6 23 0.01 10 0.7 0.0 70 0.01
KL16-09 428.1 431.2 0.092 920 0.08 0.01 56 10 8 23 2 6 0.6 1.8 114 0.01
KL16-09 431.2 434 0.109 1090 0.11 0.01 71 16 8 26 1 9 0.4 0.5 87 0.01
KL16-09 434 436.4 0.068 680 0.06 0.01 79 27 7 14 2 5 0.8 3.1 103 0.01
KL16-09 436.4 438.6 0.054 540 0.04 0.01 71 13 6 12 1 6 0.6 2.2 110 0.01
KL16-09 438.6 441.5 0.056 560 0.04 0.01 50 14 7 34 2 6 0.7 1.2 87 0.01
KL16-09 441.5 444 0.0354 354 0.06 0.01 25 5 5 16 1 5 0.6 2.5 84 0.01
KL16-09 444 446.6 0.101 1010 0.06 0.01 47 8 6 14 1 8 0.6 1.5 68 0.01
KL16-09 446.6 449.6 0.083 830 0.07 0.01 67 15 7 23 1 6 0.6 0.7 94 0.01
KL16-09 449.6 452.6 0.11 1100 0.06 0.6 45 12 5 14 2 9 0.4 3.8 99 0.01
KL16-09 452.6 455.6 0.145 1450 0.06 0.01 43 16 5 19 2 9 0.2 3.9 148 0.01
KL16-09 455.6 458.6 0.0058 58 0.01 0.01 40 5 1 0.01 0.01 21 0.01 0.0 55 0.01
KL16-09 458.6 461.6 0.094 940 0.03 0.01 41 10 7 24 1 8 0.5 3.5 92 0.01
KL16-09 461.6 464.6 0.156 1560 0.14 0.01 41 17 3 15 0.01 8 0.6 2.8 85 0.01
KL16-09 464.6 467.6 0.17 1700 0.22 0.01 47 10 7 11 1 10 0.4 5.9 54 0.01
KL16-09 467.6 470.6 0.164 1640 0.16 0.01 37 8 7 54 0.01 16 0.7 6.3 76 0.01
KL16-09 470.6 473.6 0.104 1040 0.15 0.01 25 8 4 25 0.01 10 0.3 4.3 67 0.01
KL16-09 473.6 476.6 0.096 960 0.12 0.01 24 8 3 15 0.01 12 0.2 3.7 48 0.01
KL16-09 476.6 479.6 0.139 1390 0.07 0.01 55 20 6 17 2 8 0.3 4.3 51 0.01
KL16-09 479.6 482.6 0.126 1260 0.13 0.01 38 18 5 36 1 10 0.3 5.5 53 0.01
KL16-09 482.6 485.6 0.105 1050 0.13 0.01 29 7 3 18 0.01 7 0.4 3.0 60 0.01
KL16-09 485.6 488.6 0.251 2510 1.62 0.01 58 5 6 69 1 16 0.01 8.2 77 0.01
KL16-09 488.6 491.6 0.135 1350 0.14 0.01 21 6 2 22 0.01 8 0.01 5.0 64 0.01
KL16-09 491.6 494.6 0.16 1600 0.21 0.6 38 6 2 150 0.01 8 0.01 4.8 58 0.01



Appendix V - 22 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL16-09 494.6 497.6 0.097 970 0.12 0.01 27 0.01 2 31 0.01 9 0.2 3.8 65 0.01
KL16-09 497.6 500.6 0.087 870 0.1 0.01 31 5 2 18 1 7 0.4 3.5 96 0.01
KL16-09 500.6 503.6 0.286 2860 0.32 0.01 64 7 4 46 2 12 0.01 8.4 82 0.01
KL16-09 503.6 506.6 0.339 3390 0.46 0.01 49 7 3 73 1 12 0.2 8.7 56 0.01
KL16-09 506.6 509.6 0.134 1340 0.12 0.01 26 8 3 275 0.01 11 0.3 3.8 91 0.01
KL16-09 509.6 512.6 0.107 1070 0.1 0.01 32 6 3 71 0.01 15 0.01 6.1 93 0.01
KL16-09 512.6 515.6 0.243 2430 0.18 0.7 59 10 7 166 1 17 0.3 4.9 106 0.01
KL16-09 515.6 518.6 0.165 1650 0.19 0.01 53 8 6 65 1 12 0.3 2.5 96 0.01
KL16-09 518.6 521.6 0.185 1850 0.13 0.01 45 7 4 60 1 17 0.01 3.8 56 0.01
KL16-09 521.6 524.6 0.137 1370 0.77 0.01 44 6 4 31 2 12 0.01 5.5 68 0.01
KL16-09 524.6 527.6 0.275 2750 0.23 0.01 64 6 8 30 0.01 19 0.3 7.1 108 0.01
KL16-09 527.6 530.6 0.092 920 0.05 0.01 38 6 6 75 0.01 12 0.3 3.0 58 0.01
KL16-09 530.6 533.6 0.085 850 0.06 0.01 30 7 4 38 0.01 10 0.3 3.2 69 0.01
KL16-09 533.6 536.6 0.113 1130 0.11 0.01 31 8 3 23 0.01 12 0.01 3.5 57 0.01
KL16-09 536.6 539.6 0.09 900 0.06 0.01 29 11 3 57 0.01 10 0.01 3.5 40 0.01
KL16-09 539.6 542.8 0.103 1030 0.06 0.01 38 8 6 41 0.01 13 0.01 3.3 57 0.01
KL16-09 542.8 546 0.13 1300 0.08 0.01 56 17 10 25 1 12 0.01 5.2 63 0.01
KL16-09 546 548.6 0.0246 246 0.01 0.01 37 8 1 12 0.01 7 0.3 0.8 58 0.01
KL16-09 548.6 551.6 0.0249 249 0.01 0.01 40 14 1 9 0.01 7 0.3 0.0 31 0.01
KL16-09 551.6 554.6 0.0172 172 0.01 0.01 38 11 1 6 0.01 7 0.6 0.7 32 0.01
KL16-09 554.6 557.6 0.0087 87 0.01 0.01 36 9 1 4 0.01 6 0.3 0.7 26 0.01
KL16-09 557.6 560.6 0.0105 105 0.01 0.01 43 11 1 5 0.01 4 0.01 0.6 21 0.01
KL16-09 560.6 563.6 0.0083 83 0.01 0.01 45 11 1 4 0.01 6 0.01 1.2 21 0.01
KL16-09 563.6 566.6 0.0091 91 0.01 0.01 46 15 1 0.01 0.01 6 0.01 0.0 22 0.01
KL16-09 566.6 569.6 0.0087 87 0.01 0.01 40 14 1 4 0.01 6 0.2 0.5 22 0.01
KL16-09 569.6 572.7 0.0095 95 0.01 0.01 30 10 2 4 0.01 4 0.01 0.0 20 0.01
KL16-09 572.7 575.6 0.081 810 0.05 0.01 52 17 2 5 0.01 10 0.01 1.2 38 0.01
KL16-09 575.6 578.6 0.55 5500 0.42 0.01 83 15 3 28 0.01 20 0.01 6.0 64 0.01
KL16-09 578.6 581.6 0.117 1170 0.11 0.01 50 8 4 25 0.01 9 0.4 1.7 35 0.01
KL16-09 581.6 584.6 0.0209 209 0.01 0.01 34 13 1 8 0.01 4 0.4 1.7 26 0.01
KL16-09 584.6 587.6 0.0172 172 0.01 0.01 37 14 1 6 0.01 6 0.5 2.3 26 0.01
KL16-09 587.6 590.6 0.0142 142 0.01 0.01 36 10 2 7 0.01 3 0.01 0.0 22 0.01
KL16-09 590.6 593.6 0.0122 122 0.01 0.01 37 11 1 5 0.01 4 0.01 0.0 21 0.01
KL16-09 593.6 596.6 0.0149 149 0.01 0.01 39 9 1 3 0.01 6 0.01 0.0 26 0.01
KL16-09 596.6 599.6 0.0134 134 0.01 0.01 39 10 1 3 0.01 10 0.01 1.2 25 0.01
KL16-09 599.6 602.6 0.0142 142 0.01 0.01 41 11 2 3 0.01 5 0.01 1.2 26 0.01
KL16-09 602.6 605.6 0.0107 107 0.01 0.01 44 10 1 0.01 0.01 7 0.01 0.0 118 0.01
KL16-09 605.6 608.6 0.0054 54 0.01 0.01 53 9 1 0.01 0.01 8 0.01 1.2 130 0.01
KL16-09 608.6 611.6 0.005 50 0.01 0.01 60 9 0.01 0.01 0.01 7 0.01 0.7 150 0.01
KL16-09 611.6 614.6 0.0042 42 0.01 0.01 56 8 1 0.01 0.01 10 0.01 0.0 167 0.01
KL18-01 0 3 0.0039 39 0.07 0.6 189 130 8 34 0.01 0.01 0.01 1.5 19 0.01
KL18-01 3 6 0.0046 46 0.03 1.2 111 190 16 26 3 0.01 0.01 4.5 21 0.01
KL18-01 6 9 0.0115 115 0.03 2.9 740 1320 33 33 1 0.01 1.2 17.3 18 0.01
KL18-01 9 12 0.0081 81 0.03 0.5 420 252 21 7 0.01 0.01 0.4 1.7 17 0.01
KL18-01 12 15 0.095 950 0.04 1 300 215 16 12 2 0.01 0.01 2.5 18 0.01
KL18-01 15 18 0.04 400 0.15 1.6 710 197 29 24 2 0.01 0.01 2.0 27 0.01
KL18-01 18 21 0.0167 167 0.15 3.2 640 5750 11 17 1 0.01 0.01 79.0 21 0.01
KL18-01 21 24 0.017 170 0.07 0.9 410 210 19 11 0.01 0.01 0.01 2.0 22 0.01
KL18-01 24 27 0.0303 303 0.05 0.01 500 67 10 6 2 0.01 0.01 2.2 19 0.01
KL18-01 27 30 0.018 180 0.22 1.6 1330 600 14 8 6 0.01 1 7.4 26 0.01
KL18-01 30 33 0.0265 265 0.1 0.8 960 170 23 11 1 0.01 0.6 4.2 15 0.01
KL18-01 33 36 0.156 1560 0.08 0.9 3190 245 23 19 3 12 0.6 7.2 26 0.01
KL18-01 36 39 0.055 550 0.11 1.4 2470 365 22 9 9 3 0.8 5.5 22 0.01
KL18-01 39 41.85 0.47 4700 0.73 1.7 36700 37 30 14 58 38 0.9 32.0 30 0.01
KL18-01 41.85 43.5 0.434 4340 0.58 3.5 10100 1220 29 10 20 25 3 13.3 24 0.01
KL18-01 43.5 45.3 0.4 4000 0.39 3.3 6050 590 25 11 100 18 1.9 12.5 18 0.01
KL18-01 45.3 47.1 0.145 1450 1.93 2 72 31 3 35 1940 2 0.4 36.5 19 0.01
KL18-01 47.1 49.5 0.267 2670 1.89 3.3 80 54 21 357 370 6 0.3 22.3 125 0.01
KL18-01 49.5 52.5 0.57 5700 1.63 2.7 362 47 27 780 9 15 1.4 18.0 47 0.01
KL18-01 52.5 55.6 0.151 1510 0.4 0.01 58 23 17 1710 3 5 0.01 7.0 34 0.01
KL18-01 55.6 58.5 0.165 1650 0.53 0.01 65 31 15 890 2 4 0.2 6.7 26 0.01
KL18-01 58.5 61.5 0.212 2120 0.34 0.01 82 24 5 97 1 4 0.01 1.2 27 0.01
KL18-01 61.5 63.95 0.454 4540 0.61 0.7 450 88 9 121 2 12 0.01 7.7 30 0.01



Appendix V - 23 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-01 63.95 64.5 1.36 13600 0.48 6.5 6500 204 37 21 32 54 2.6 5.5 21 0.01
KL18-01 64.5 66.3 0.96 9600 1.4 2.4 367 21 11 88 20 16 1.1 8.0 27 0.01
KL18-01 66.3 68.5 0.89 8900 1.75 2.2 89 20 3 45 23 5 0.01 8.7 30 0.01
KL18-01 68.5 69.55 0.72 7200 2.15 2.1 172 18 14 9 31 14 0.01 16.0 25 0.01
KL18-01 69.55 71.5 0.71 7100 1.43 1.3 104 16 11 24 5 8 0.01 9.0 27 0.01
KL18-01 71.5 73.4 1.28 12800 3.15 4.3 93 16 22 22 30 15 0.2 16.5 17 0.01
KL18-01 73.4 74.8 0.95 9500 1.55 1 128 28 18 21 1 15 0.01 84.0 31 0.01
KL18-01 74.8 77.3 0.77 7700 1.02 1.7 97 42 13 83 1 8 0.4 23.5 47 0.01
KL18-01 77.3 80 0.56 5600 1.04 1.1 210 27 3 16 28 5 0.4 16.5 17 0.01
KL18-01 80 82.5 0.351 3510 0.61 0.7 82 27 16 208 1 6 0.3 9.1 36 0.01
KL18-01 82.5 84.7 0.6 6000 0.36 1 148 50 3 27 0.01 14 0.2 11.0 18 0.01
KL18-01 84.7 86.65 0.97 9700 1.56 1.5 394 27 20 54 2 29 0.2 20.7 23 0.01
KL18-01 86.65 90.6 1.07 10700 1.32 1.4 202 28 11 16 3 11 0.3 12.0 47 0.01
KL18-01 90.6 92 1.02 10200 0.83 2 340 24 18 55 2 22 0.2 16.7 12 0.01
KL18-01 92 94.1 0.47 4700 0.52 1.2 9800 32 12 392 3 14 0.01 15.5 13 0.01
KL18-01 94.1 96 0.71 7100 0.61 1 4300 150 10 70 0.01 25 0.01 14.0 14 0.01
KL18-01 96 98 0.056 560 0.06 0.01 328 13 0.01 45 0.01 4 0.01 1.2 8 0.01
KL18-01 98 101.9 0.73 7300 0.75 1.6 4900 15 49 70 2 21 0.3 11.7 33 0.01
KL18-01 101.9 104.4 1.3 13000 1.55 2.2 810 21 17 30 1 40 0.2 30.0 30 0.01
KL18-01 104.4 106.8 2.66 26600 2.52 5.1 1830 24 30 142 1 43 0.01 51.2 29 0.01
KL18-01 106.8 108 0.198 1980 0.72 0.01 193 13 6 375 1 6 0.6 1.9 18 0.01
KL18-01 108 111 0.387 3870 0.52 0.9 184 20 11 660 1 14 0.3 10.1 40 0.01
KL18-01 111 114.5 0.321 3210 0.29 0.6 212 38 10 630 1 15 1.2 8.7 37 0.01
KL18-01 114.5 116.5 0.0192 192 0.04 0.01 255 19 0.01 439 1 0.01 0.6 5.2 0 0.01
KL18-01 116.5 122.5 0.87 8700 1.75 4.7 87400 37 16 209 65 61 0.6 47.2 40 0.01
KL18-01 122.5 127 0.89 8900 1.01 2.5 7400 21 34 104 10 39 1.1 39.0 40 0.01
KL18-01 127 132.5 1.25 12500 1.16 6.2 39500 25 23 111 13 134 1.3 47.5 38 0.01
KL18-01 132.5 134.7 0.202 2020 0.2 1.3 8060 30 11 22 4 41 0.01 17.5 25 0.01
KL18-01 134.7 137.4 1.93 19300 2.05 7.1 19600 43 17 41 7 98 1.1 33.7 38 0.01
KL18-01 137.4 143.3 0.129 1290 0.75 0.01 1100 91 130 810 2 7 0.4 5.4 21 0.42
KL18-01 143.3 146.5 2.09 20900 3.78 4 214 21 2 36 1 34 0.3 19.0 23 0.01
KL18-01 146.5 149.5 3.2 32000 4.47 3.2 220 20 0.01 132 2 50 0.01 22.5 24 0.01
KL18-01 149.5 151 2.7 27000 2.74 4.3 156 41 2 67 1 39 0.2 42.5 15 0.01
KL18-01 151 154 1.07 10700 0.87 1.1 97 12 8 48 0.01 17 0.01 13.7 19 0.01
KL18-01 154 157 2.39 23900 2.93 2.8 1720 10 31 71 1 23 0.01 43.7 20 0.01
KL18-01 157 159.5 1.06 10600 1.64 3.2 600 12 14 59 1 25 0.01 14.5 31 0.01
KL18-01 159.5 162.5 1.62 16200 1.11 3.5 247 7 5 57 0.01 23 0.01 19.5 41 0.01
KL18-01 162.5 164 0.63 6300 0.49 1.2 132 5 4 64 0.01 16 0.01 13.2 46 0.01
KL18-01 164 166.1 2.92 29200 2.49 3.8 268 5 19 149 0.01 30 0.01 23.7 65 0.01
KL18-01 166.1 167.55 1.19 11900 0.69 1.6 90 0.01 12 220 0.01 27 0.01 21.2 47 0.01
KL18-01 167.55 170 1.34 13400 1.14 3.2 139 20 90 1380 1 15 16.5 13.5 59 0.01
KL18-01 170 173 1.04 10400 0.54 4 158 67 39 308 0.01 5 2.9 5.7 53 0.01
KL18-01 173 176 1.35 13500 0.93 11.4 2890 1770 84 180 1 22 21.4 11.5 46 0.14
KL18-01 176 179 1.58 15800 1.37 3.6 620 147 28 102 0.01 29 4.4 10.0 84 0.01
KL18-01 179 182 1.3 13000 1.15 2.3 114 27 9 1010 1 26 0.6 13.0 70 0.01
KL18-01 182 185 1.27 12700 1.92 3.3 53 25 11 284 2 9 0.4 11.0 63 0.01
KL18-01 185 188 0.955 9550 1.4 1.5 36 7 4 95 3 5 0.01 7.0 70 0.01
KL18-01 188 191 1.11 11100 1.76 2.1 31 5 0.01 118 1 6 0.2 7.7 73 0.01
KL18-01 191 194 1.26 12600 1.85 3 80 10 0.01 93 3 6 0.01 8.0 68 0.01
KL18-01 194 197 1.31 13100 1.91 5 840 256 140 268 3 5 13 10.5 45 0.1
KL18-01 197 200 1.16 11600 1.97 3.8 190 92 19 125 5 5 2.3 7.5 54 0.01
KL18-01 200 203 1.3 13000 2 2.3 63 7 2 295 2 11 0.6 15.0 85 0.01
KL18-01 203 206 0.87 8700 1.39 1.7 82 22 1 177 2 5 0.5 10.3 53 0.01
KL18-01 206 209 1.58 15800 2.51 3.5 37 7 0.01 147 3 6 0.2 10.0 86 0.01
KL18-01 209 213.5 1.36 13600 2.03 2.6 57 5 0.01 66 1 7 0.8 8.0 63 0.01
KL18-01 213.5 216.5 1.57 15700 1.64 2.1 65 12 3 59 1 13 0.8 10.0 72 0.01
KL18-01 216.5 219.5 1.39 13900 1.65 2.7 76 0.01 0.01 520 1 16 0.01 9.0 73 0.01
KL18-01 219.5 222.1 1.42 14200 1.33 2.3 89 5 0.01 156 0.01 19 0.01 4.0 74 0.01
KL18-01 222.1 225.5 1.86 18600 2.77 5 46 0.01 4 226 4 14 0.4 3.0 82 0.01
KL18-01 225.5 228.5 1.48 14800 1.93 2.7 39 5 3 73 2 15 0.01 9.5 75 0.01
KL18-01 228.5 231.5 1.1 11000 1.15 3.9 293 142 0.01 152 1 13 2.3 5.2 74 0.01
KL18-01 231.5 234.5 1.22 12200 1 1.6 80 17 3 211 0.01 19 0.6 8.5 101 0.01
KL18-01 234.5 237.5 1.08 10800 0.81 1.4 228 22 3 179 0.01 15 1 3.7 85 0.01



Appendix V - 24 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-01 237.5 239 1.29 12900 1.27 1.8 94 12 0.01 200 0.01 18 0.4 3.0 83 0.01
KL18-01 239 243.5 0.465 4650 0.38 1.2 327 72 5 47 1 12 0.01 4.7 41 0.01
KL18-01 243.5 245 1.13 11300 0.52 2.4 138 10 0.01 437 0.01 27 0.5 5.3 89 0.01
KL18-01 245 248 1.35 13500 1.2 2 98 12 0.01 60 1 21 0.5 5.0 75 0.01
KL18-01 248 251 0.82 8200 0.64 1.3 65 7 0.01 74 0.01 59 0.01 2.7 71 0.01
KL18-01 251 254 0.93 9300 0.79 1.1 132 22 0.01 84 0.01 18 0.8 3.7 81 0.01
KL18-01 254 257 1.11 11100 1.31 2.6 80 7 0.01 132 2 20 0.01 4.7 92 0.01
KL18-01 257 260 1.31 13100 0.91 2.5 78 0.01 0.01 263 0.01 18 0.01 4.0 80 0.01
KL18-01 260 263 1.03 10300 0.75 1.8 65 5 0.01 790 1 15 0.01 5.5 71 0.01
KL18-01 263 266 1.06 10600 1.5 3 135 20 2 5 1 9 0.01 2.9 13 0.01
KL18-01 266 269 1.16 11600 1.05 1.7 76 5 0.01 218 0.01 24 0.5 4.5 71 0.01
KL18-01 269 272 1.42 14200 1.45 2.6 81 20 0.01 272 1 19 0.3 7.0 82 0.01
KL18-01 272 275 2.28 22800 2.73 3.5 76 15 3 82 2 15 1 7.5 90 0.01
KL18-01 275 278 1.04 10400 0.99 14.7 6800 2510 71 156 2 9 26 6.3 76 0.44
KL18-01 278 281 1.37 13700 1.84 2.6 190 57 0.01 148 2 18 1.6 5.5 86 0.01
KL18-01 281 284 1.35 13500 2.2 2.5 120 40 0.01 114 2 21 0.6 7.5 80 0.01
KL18-01 284 287 1.35 13500 1.52 1.9 87 22 0.01 147 1 24 0.2 2.5 79 0.01
KL18-01 287 290 0.57 5700 0.47 1.2 77 33 0.01 282 0.01 23 0.2 7.7 65 0.01
KL18-01 290 293 1.02 10200 0.97 1.4 96 42 0.01 268 0.01 14 0.3 4.2 68 0.01
KL18-01 293 296 0.53 5300 0.49 1.2 70 37 11 24 0.01 14 0.01 7.7 62 0.01
KL18-01 296 299 1.01 10100 1.07 2.1 96 32 6 40 0.01 17 0.4 8.5 68 0.01
KL18-01 299 302 0.72 7200 0.53 1.2 97 25 0.01 19 0.01 16 0.4 7.7 70 0.01
KL18-01 302 305 1.71 17100 1.72 2 100 20 0.01 68 0.01 19 0.4 3.0 70 0.01
KL18-01 305 308 1.19 11900 1.57 2.1 65 20 0.01 8 1 10 0.01 7.0 85 0.01
KL18-01 308 308.8 0.454 4540 0.89 1.1 40 17 0.01 8 0.01 17 0.01 4.0 104 0.01
KL18-01 308.8 311 0.353 3530 0.41 0.8 235 304 3 6 0.01 3 0.01 3.0 136 0.01
KL18-01 311 314 0.38 3800 1.01 0.7 37 60 22 4 0.01 4 0.01 4.7 122 0.01
KL18-01 314 317 0.35 3500 0.28 2.4 280 202 310 8 4 2 8.7 4.1 96 0.01
KL18-01 317 320 0.451 4510 0.62 1.2 146 82 5 10 1 3 0.01 3.0 123 0.01
KL18-01 320 323 0.381 3810 0.43 0.9 56 35 0.01 20 0.01 3 0.01 2.5 52 0.01
KL18-01 323 326 0.491 4910 0.61 1.3 107 37 0.01 12 1 2 0.01 2.7 54 0.01
KL18-01 326 329 0.88 8800 1.64 3 34 12 1 7 4 2 0.01 6.5 65 0.01
KL18-01 329 330.5 0.92 9200 1.65 2.3 18 0.01 0.01 7 4 3 0.01 3.0 69 0.01
KL18-02 0 4 0.005 50 0.04 0.6 140 133 10 11 0.01 0.01 0.5 2.3 23 0.01
KL18-02 4 7 0.008 80 0.08 4.9 830 570 32 4 12 2 1.3 10.3 22 0.16
KL18-02 7 10 0.0114 114 0.04 3.4 870 890 20 8 3 2 0.6 6.7 17 0.01
KL18-02 10 13 0.0299 299 0.04 0.01 431 840 24 8 1 2 0.5 3.6 20 0.01
KL18-02 13 16 0.076 760 0.09 1.3 760 124 29 26 3 4 0.2 6.0 23 0.01
KL18-02 16 19 0.107 1070 0.23 2.5 1140 275 22 14 2 4 0.4 7.1 23 0.01
KL18-02 19 22 0.0106 106 0.07 0.01 351 67 8 5 3 2 0.8 2.3 20 0.01
KL18-02 22 25 0.0173 173 0.08 0.8 530 410 23 6 3 2 1.3 3.0 17 0.01
KL18-02 25 28 0.0148 148 0.03 1.5 650 440 21 10 4 2 1.1 3.1 20 0.01
KL18-02 28 31 0.129 1290 0.23 1.6 2020 224 150 56 5 8 5.5 12.0 23 0.21
KL18-02 31 34 0.026 260 0.03 0.01 434 249 58 4 1 3 2.9 4.0 17 0.01
KL18-02 34 37 0.32 3200 0.36 3.4 3400 274 160 13 15 15 10.8 21.3 29 0.52
KL18-02 37 40 0.0113 113 0.01 0.01 66 23 2 2 0.01 16 0.01 0.0 17 0.01
KL18-02 40 43 1.17 11700 2.23 3.2 1700 43 29 57 44 35 0.6 24.5 21 0.01
KL18-02 43 46 0.67 6700 2.16 5.6 1550 47 38 297 295 23 3 28.8 48 0.01
KL18-02 46 49 0.65 6500 2.49 4.8 327 53 46 1780 160 10 2.4 34.0 80 0.01
KL18-02 49 52 0.48 4800 1.07 3.6 186 25 47 660 10 9 3.1 22.8 91 0.01
KL18-02 52 55 0.5 5000 1.32 3.4 196 36 26 940 9 11 1.7 14.5 95 0.01
KL18-02 55 58 1.47 14700 3.84 3 410 24 10 210 46 27 0.7 21.2 42 0.01
KL18-02 58 61 1.23 12300 1.54 5.3 194 20 17 110 70 16 0.3 15.8 43 0.01
KL18-02 61 64 0.78 7800 2.05 3.3 100 12 16 21 50 11 0.2 13.3 32 0.01
KL18-02 64 67 0.76 7600 2.58 1.9 113 12 13 55 14 11 0.3 11.6 47 0.01
KL18-02 67 70 0.76 7600 1.12 1.6 92 14 9 29 8 9 0.3 10.1 71 0.01
KL18-02 70 73 0.57 5700 1.03 1.6 92 12 7 67 8 15 0.01 13.2 61 0.01
KL18-02 73 76 0.37 3700 1.04 0.8 161 7 6 47 4 9 0.01 7.3 23 0.01
KL18-02 76 79 0.68 6800 1.39 1.4 100 12 13 5 3 9 0.2 8.4 20 0.01
KL18-02 79 82 0.42 4200 0.59 0.5 78 10 7 202 1 7 0.3 8.3 45 0.01
KL18-02 82 85 0.97 9700 0.85 1.3 204 19 3 85 1 17 0.01 19.0 20 0.01
KL18-02 85 88 0.46 4600 0.56 0.5 150 16 15 9 0.01 10 0.01 5.0 23 0.01
KL18-02 88 91 0.7 7000 1.06 0.8 207 13 29 16 1 11 0.3 10.2 41 0.01



Appendix V - 25 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-02 91 94 0.41 4100 0.57 0.7 90 7 38 360 2 6 0.9 8.4 23 0.01
KL18-02 94 97 0.156 1560 0.27 0.01 73 12 16 61 1 5 0.2 2.9 41 0.01
KL18-02 97 100 0.55 5500 2.68 2.3 74 19 14 122 22 6 0.4 10.2 22 0.01
KL18-02 100 103 0.095 950 0.86 0.8 69 30 30 100 1 7 0.4 6.9 40 0.01
KL18-02 103 105.7 0.0217 217 0.33 0.01 170 25 16 135 0.01 5 0.4 4.0 60 0.01
KL18-02 105.7 109 0.48 4800 0.5 2.4 21500 18 14 45 7 51 2 18.3 70 0.01
KL18-02 109 112 0.09 900 0.18 0.8 4300 60 11 4 8 6 1.6 4.7 29 0.01
KL18-02 112 114.3 0.178 1780 0.2 11.4 7500 3300 14 6 82 6 0.7 30.8 27 0.01
KL18-02 114.3 118 0.49 4900 0.52 0.6 320 15 6 33 0.01 18 0.01 8.7 21 0.01
KL18-02 118 121 0.85 8500 0.96 1 287 6 1 132 1 25 0.01 13.4 27 0.01
KL18-02 121 124 1.79 17900 1.13 2.2 800 11 4 192 0.01 23 0.01 31.0 22 0.01
KL18-02 124 127 0.0116 116 0.01 0.01 67 17 0.01 2 0.01 16 0.01 0.0 16 0.01
KL18-02 127 130.5 0.75 7500 0.57 1.3 520 33 7 140 0.01 52 0.2 32.5 70 0.01
KL18-02 130.5 133.5 0.53 5300 0.31 0.9 400 13 4 105 0.01 37 0.01 24.8 73 0.01
KL18-02 133.5 136.5 0.8 8000 0.58 1.4 107 11 3 42 0.01 69 0.01 15.6 91 0.01
KL18-02 136.5 139.3 2.78 27800 1.4 6.7 1050 840 6 354 9 77 0.01 33.9 96 0.01
KL18-02 139.3 142.5 0.81 8100 1.18 1.7 62 19 2 193 0.01 13 0.01 6.8 86 0.01
KL18-02 142.5 145.5 1.68 16800 2.79 3.4 56 21 0.01 133 3 11 0.01 18.0 100 0.01
KL18-02 145.5 148.5 1.62 16200 2.48 4.2 45 15 4 56 2 10 0.01 16.0 127 0.01
KL18-02 148.5 151.5 1.11 11100 0.39 6.1 57 13 13 58 2 8 0.01 7.0 101 0.01
KL18-02 151.5 154.5 1.19 11900 0.5 6.3 56 20 22 69 4 13 0.01 4.0 121 0.01
KL18-02 154.5 157.5 1.2 12000 0.48 4.6 36 18 5 85 3 12 0.01 4.0 134 0.01
KL18-02 157.5 160.5 1.16 11600 0.96 3.1 39 18 0.01 86 3 12 0.01 14.0 127 0.01
KL18-02 160.5 163.5 1.11 11100 1.33 4.3 31 9 1 88 4 13 0.01 11.0 124 0.01
KL18-02 163.5 166.5 1.08 10800 1.06 2.3 40 11 3 126 2 11 0.01 7.5 123 0.01
KL18-02 166.5 169.5 1.57 15700 0.37 3.2 30 13 2 94 3 11 0.01 14.0 120 0.01
KL18-02 169.5 172.5 1.32 13200 0.39 3.4 49 21 5 52 4 12 0.01 5.5 159 0.01
KL18-02 172.5 175.5 1.22 12200 0.35 3.8 48 27 7 56 2 14 0.01 4.0 134 0.01
KL18-02 175.5 178.5 0.96 9600 0.36 2.7 45 20 4 43 2 16 0.01 4.0 106 0.01
KL18-02 178.5 181.5 0.97 9700 1.19 1.5 25 13 2 102 1 11 0.01 9.0 104 0.01
KL18-02 181.5 184.5 0.99 9900 1.27 1.2 30 9 2 66 3 11 0.01 7.5 126 0.01
KL18-02 184.5 187.5 1.1 11000 0.7 1.7 28 13 4 89 1 10 0.01 5.0 102 0.01
KL18-02 187.5 190.5 1.25 12500 1.53 2 13 6 2 88 2 10 0.01 7.5 98 0.01
KL18-02 190.5 193.5 0.88 8800 1.12 2 27 11 1 123 1 11 0.01 7.2 94 0.01
KL18-02 193.5 196.5 0.96 9600 0.61 1.7 35 10 5 75 0.01 8 0.01 5.5 102 0.01
KL18-02 196.5 199.5 1.09 10900 1.4 1.8 27 9 4 89 0.01 8 0.01 7.5 100 0.01
KL18-02 199.5 202 1.1 11000 2.31 1.9 17 7 1 138 3 7 0.01 13.0 91 0.01
KL18-02 202 205 1.75 17500 2.47 5.1 17 8 1 38 6 11 0.01 15.5 80 0.01
KL18-02 205 208 1.95 19500 2.2 5 26 9 2 65 7 11 0.01 11.0 81 0.01
KL18-02 208 211 1.37 13700 1.37 3 18 7 4 59 3 8 0.01 11.0 103 0.01
KL18-02 211 214 1.69 16900 0.95 5.6 920 1450 66 131 2 10 10.6 10.0 76 0.24
KL18-02 214 217 1.63 16300 1.31 2.3 25 23 4 153 3 10 0.01 5.0 80 0.01
KL18-02 217 220 1.32 13200 0.99 1.5 25 8 3 226 0.01 11 0.01 11.5 106 0.01
KL18-02 220 223 1.72 17200 1.55 2.2 30 7 3 108 1 17 0.01 13.0 100 0.01
KL18-02 223 226 1.32 13200 1.04 1.4 40 15 5 219 0.01 13 0.01 8.0 80 0.01
KL18-02 226 229 1.11 11100 0.91 1.6 31 13 4 313 0.01 11 0.01 5.8 74 0.01
KL18-02 229 232 1.12 11200 0.64 1.9 64 21 24 338 0.01 13 0.01 6.5 80 0.01
KL18-02 232 235 1.14 11400 0.89 1.6 34 17 5 308 0.01 14 0.01 6.0 97 0.01
KL18-02 235 238 1.5 15000 0.82 1.4 127 17 1 330 0.01 46 0.01 15.5 105 0.01
KL18-02 238 241 1.12 11200 0.58 1.4 124 16 2 325 0.01 55 0.8 3.5 49 0.01
KL18-02 241 244 2.98 29800 1.14 3.1 154 17 0.01 358 0.01 56 0.2 3.3 45 0.01
KL18-02 244 247 2.17 21700 1.04 2.6 147 15 3 345 1 58 0.2 11.2 50 0.01
KL18-02 247 250 1.02 10200 0.5 1 142 22 1 250 1 39 0.01 6.9 38 0.01
KL18-02 250 253 1.42 14200 1.68 1.3 140 15 3 109 0.01 42 0.2 14.5 50 0.01
KL18-02 253 256 1.04 10400 0.98 1.8 325 26 1 65 4 37 0.01 20.0 92 0.01
KL18-02 256 259 1.52 15200 1.74 4 12000 450 14 19 20 31 1.6 32.5 104 0.01
KL18-02 259 262 0.97 9700 2.44 5.6 11700 1340 11 106 26 27 2.8 32.7 65 0.01
KL18-02 262 265 0.725 7250 10.1 3.8 890 500 21 3 8 28 0.9 9.4 151 0.01
KL18-02 265 268 0.72 7200 10 6.2 385 148 21 62 5 64 1.4 22.2 102 0.01
KL18-02 268 271 0.154 1540 0.18 0.01 146 29 2 2 1 30 0.3 4.5 38 0.01
KL18-02 271 274 0.58 5800 3.3 2.3 170 80 19 13 2 43 1.6 16.4 76 0.01
KL18-02 274 277 0.85 8500 2.52 2.6 151 62 24 9 1 89 1.7 11.4 78 0.01
KL18-02 277 280 1.07 10700 3.79 5.7 113 34 13 154 2 70 0.2 29.0 70 0.01



Appendix V - 26 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-02 280 283 3.52 35200 7.62 22.3 327 24 17 120 2 63 0.2 106.0 85 0.01
KL18-02 283 286 2.09 20900 4.4 12 262 28 17 144 24 37 0.01 52.4 72 0.01
KL18-02 286 289 1.33 13300 3.65 7.1 283 17 10 183 7 51 0.01 50.0 67 0.01
KL18-02 289 290.3 1.46 14600 5.42 10.7 345 20 38 227 0.01 59 0.2 40.0 49 0.01
KL18-02 290.3 293.5 0.98 9800 2.48 4 190 18 58 78 0.01 29 0.01 17.0 32 0.01
KL18-02 293.5 296.5 1.33 13300 1.1 6.1 680 8 24 112 0.01 46 0.2 30.5 42 0.01
KL18-02 296.5 299.5 1.77 17700 2.05 8.8 164 10 54 113 1 59 1.9 17.0 71 0.01
KL18-02 299.5 302.5 1.61 16100 1.89 4 3300 12 39 25 0.01 48 0.6 114.0 34 0.01
KL18-02 302.5 304.6 0.62 6200 0.67 2.1 170 24 38 7 0.01 25 0.7 29.2 28 0.01
KL18-02 304.6 308.5 0.0394 394 0.05 0.01 75 12 9 3 0.01 2 0.01 1.8 10 0.01
KL18-02 308.5 311.5 0.0091 91 0.01 0.01 28 17 1 0.01 0.01 2 0.2 0.0 9 0.01
KL18-02 311.5 314.5 0.0129 129 0.01 0.01 106 13 6 2 0.01 2 0.2 1.5 10 0.01
KL18-02 314.5 317.5
KL18-02 317.5 320.5
KL18-02 320.5 323
KL18-03 0 3 0.0123 123 0.05 1 2700 510 15 8 0.01 0.01 0.7 6.8 15 0.22
KL18-03 3 6 0.0206 206 0.06 1.4 150 50 15 8 1 0.01 0.8 2.6 16 0.01
KL18-03 6 9 0.0254 254 0.2 3.2 430 127 66 15 4 0.01 3 6.2 26 0.26
KL18-03 9 12 0.05 500 0.14 4.2 2610 790 150 30 8 0.01 5.5 14.3 19 0.66
KL18-03 12 15 0.106 1060 0.12 4.9 1080 241 440 31 2 0.01 7.9 8.3 27 0.16
KL18-03 15 18 0.438 4380 0.11 5.2 3700 1210 1430 25 5 0.01 22 11.2 18 0.33
KL18-03 18 21 1.47 14700 0.29 18.9 7350 2700 3550 24 8 11 150 73.7 30 0.61
KL18-03 21 24 0.071 710 0.18 2.7 620 112 130 11 3 0.01 3.6 16.2 22 0.13
KL18-03 24 27 0.204 2040 0.25 2.4 1060 87 170 9 4 2 4.6 10.9 25 0.01
KL18-03 27 30 0.0289 289 0.13 1.3 830 114 48 10 2 0.01 2.6 4.1 17 0.01
KL18-03 30 33 0.125 1250 0.15 0.8 2270 63 290 5 1 0.01 19.8 5.8 22 0.01
KL18-03 33 36 0.0327 327 0.08 0.5 840 98 16 4 3 0.01 1 6.2 26 0.01
KL18-03 36 39 0.1 1000 0.29 0.7 410 42 14 4 5 3 0.4 4.1 14 0.01
KL18-03 39 42 0.0145 145 0.09 0.01 194 20 15 13 2 2 0.6 8.0 18 0.01
KL18-03 42 45 0.217 2170 0.23 1.9 4290 36 20 39 7 9 1 8.7 34 0.01
KL18-03 45 48 0.65 6500 1.69 4.5 13100 25 29 6 26 43 3.2 19.2 22 0.01
KL18-03 48 51 0.155 1550 0.62 2.1 1900 440 35 7 5 0.01 2.6 14.0 18 0.01
KL18-03 51 54 0.56 5600 1.17 1.4 1610 31 20 101 22 14 0.9 13.9 18 0.01
KL18-03 54 57 1.21 12100 1.45 6.5 15800 800 460 111 29 25 88 41.3 70 0.34
KL18-03 57 61 0.448 4480 3.64 8.1 1760 610 330 66 5 4 28 14.7 58 0.26
KL18-03 61 64 0.278 2780 3.67 10.6 3570 910 110 68 5 6 12 31.0 57 0.21
KL18-03 64 67 0.214 2140 2.35 5.4 2850 600 61 71 3 6 7.3 16.8 26 0.25
KL18-03 67 70 0.86 8600 3.51 14.8 10500 3200 170 11 64 10 98 18.0 34 0.23
KL18-03 70 73 0.88 8800 12.3 13.3 10700 4400 110 28 14 5 22.6 16.0 28 0.32
KL18-03 73 76 1.59 15900 2.2 15.6 5100 1880 34 65 247 14 16.2 62.0 40 0.01
KL18-03 76 79 0.492 4920 1.23 3.1 1210 1290 11 54 7 11 3.9 18.2 35 0.01
KL18-03 79 82 0.83 8300 1.65 2.8 247 56 22 29 9 9 0.5 16.0 25 0.01
KL18-03 82 85 0.482 4820 1.53 1.2 277 174 23 32 4 8 0.4 9.0 33 0.01
KL18-03 85 88 0.256 2560 0.8 0.8 87 18 9 101 2 6 0.4 9.5 24 0.01
KL18-03 88 91 0.88 8800 1.18 1.2 194 20 12 8 1 13 0.01 10.8 19 0.01
KL18-03 91 94 0.74 7400 1.03 1.7 187 20 42 84 1 10 0.01 14.6 15 0.01
KL18-03 94 95.8 0.8 8000 0.79 1.5 251 16 31 212 1 18 0.01 11.8 17 0.01
KL18-03 95.8 98.6 0.386 3860 0.61 0.5 131 17 11 188 0.01 7 0.7 7.5 59 0.01
KL18-03 98.6 101.5 0.362 3620 0.4 1 151 15 24 480 0.01 12 0.5 15.1 54 0.01
KL18-03 101.5 103 1.04 10400 0.72 2.2 400 21 22 600 1 53 0.3 19.2 36 0.01
KL18-03 103 106 1.17 11700 0.84 1.2 343 10 9 355 0.01 47 0.01 19.8 24 0.01
KL18-03 106 109 1.03 10300 0.65 1.4 231 12 22 197 1 30 0.01 8.8 16 0.01
KL18-03 109 112 0.198 1980 0.27 0.01 158 12 12 59 0.01 31 0.01 5.3 29 0.01
KL18-03 112 115 0.86 8600 0.64 1.1 272 12 10 1670 1 41 0.3 15.2 23 0.01
KL18-03 115 118 0.24 2400 0.42 0.7 540 14 14 68 2 24 0.5 19.5 17 0.01
KL18-03 118 121 0.368 3680 0.32 0.7 278 13 12 26 3 47 0.2 44.0 16 0.01
KL18-03 121 123.7 0.376 3760 0.21 1.2 3080 32 6 38 2 32 0.2 35.0 15 0.01
KL18-03 123.7 125.5 0.425 4250 0.65 1 100 10 2 21 1 38 0.01 40.0 23 0.01
KL18-03 125.5 127.5 0.55 5500 0.83 1.6 123 8 5 76 1 43 0.01 29.0 27 0.01
KL18-03 127.5 129 0.72 7200 1.26 1.4 90 8 3 93 0.01 40 0.01 18.2 25 0.01
KL18-03 129 131.5 1.55 15500 1.38 2.1 375 34 0.01 65 1 75 0.01 12.0 31 0.01
KL18-03 131.5 134.5 2.29 22900 2.72 3.9 356 39 1 348 1 81 0.01 30.5 33 0.01
KL18-03 134.5 137.5 2.73 27300 3.01 4.1 125 24 5 206 9 45 0.01 17.0 53 0.01



Appendix V - 27 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-03 137.5 140.5 2.4 24000 2.07 3.6 78 65 30 59 0.01 40 0.6 17.0 83 0.01
KL18-03 140.5 143.5 2.57 25700 1.38 2.5 560 187 260 780 1 51 5.9 26.0 58 0.79
KL18-03 143.5 146.2 4.22 42200 4.29 4.5 76 32 50 152 1 36 0.4 21.0 67 0.5
KL18-03 146.2 149.5 0.71 7100 0.26 2.3 265 293 140 608 0.01 8 29 6.0 70 0.32
KL18-03 149.5 152.5 1.76 17600 0.4 2.5 54 17 12 950 1 20 0.5 16.0 58 0.11
KL18-03 152.5 155.5 2.29 22900 0.58 3.3 50 27 14 450 0.01 22 0.01 19.0 59 0.12
KL18-03 155.5 158.5 2.68 26800 0.66 3.1 50 26 12 1380 0.01 19 0.6 21.0 77 0.15
KL18-03 158.5 161.5 1.86 18600 0.37 1.9 59 19 16 1300 0.01 13 1.1 12.0 69 0.01
KL18-03 161.5 164.5 1.68 16800 1.05 3.2 71 23 4 1050 0.01 20 0.2 15.0 70 0.14
KL18-03 164.5 166.9 3.47 34700 2.91 4.6 245 100 7 2280 0.01 74 0.01 10.0 93 0.01
KL18-03 166.9 168.6 0.96 9600 0.62 1.7 159 15 1 189 0.01 50 0.4 4.4 87 0.01
KL18-03 168.6 170.5 2.7 27000 2.94 7.5 540 14 42 46 4 118 3 22.0 51 0.01
KL18-03 170.5 173.5 0.69 6900 1.36 5.2 10600 101 78 27 37 61 7.8 4.8 76 0.01
KL18-03 173.5 175 0.174 1740 0.6 3.1 1710 189 120 10 44 19 24 10.7 70 0.01
KL18-03 175 178 0.63 6300 1.16 3.7 12800 20 30 8 11 120 4.8 9.4 82 0.01
KL18-03 178 179.5 0.128 1280 0.21 2.3 7400 146 230 15 30 35 62 10.7 93 0.01
KL18-03 179.5 182.1 0.26 2600 0.29 4.6 114000 167 78 3 5 230 11.2 49.0 43 0.01
KL18-03 182.1 184 0.0256 256 0.11 3.3 1600 700 33 6 5 6 1.3 1.2 30 0.01
KL18-03 184 187 0.0262 262 0.38 14.7 3070 12400 70 8 4 7 23 4.9 40 0.01
KL18-03 187 190 0.0228 228 0.37 16.9 8900 19400 130 4 28 9 8.8 8.9 31 0.01
KL18-03 190 193 0.0122 122 0.19 6.5 1700 3100 200 6 0.01 6 13 14.1 37 0.01
KL18-03 193 196 0.0086 86 0.01 0.8 387 260 29 5 0.01 4 1.1 1.5 26 0.01
KL18-03 196 199 0.0121 121 0.01 0.5 335 172 16 5 0.01 6 1.1 0.6 26 0.01
KL18-03 199 202 0.0096 96 0.01 0.01 137 50 5 3 0.01 4 0.3 0.0 18 0.01
KL18-03 202 205 0.008 80 0.01 9.7 950 2820 17 3 0.01 4 12.2 0.0 20 0.01
KL18-03 205 208 0.0136 136 0.01 3.3 4150 2050 21 4 0.01 7 4.6 1.3 23 0.01
KL18-03 208 211 0.035 350 0.01 1.5 1550 412 19 4 0.01 7 3.6 0.6 22 0.01
KL18-03 211 214 0.0149 149 0.01 0.01 1030 140 8 7 0.01 7 0.8 0.0 18 0.01
KL18-03 214 217 0.021 210 0.01 0.01 520 44 7 88 0.01 6 0.8 0.5 14 0.01
KL18-03 217 220 0.0341 341 0.01 0.01 910 20 7 38 1 8 0.3 0.5 12 0.01
KL18-03 220 223 0.062 620 0.08 0.6 2340 21 11 173 0.01 8 0.3 0.7 14 0.01
KL18-03 223 226 0.0286 286 0.01 0.01 140 19 4 23 1 6 0.6 0.0 14 0.01
KL18-03 226 229 0.0273 273 0.02 0.01 386 21 5 44 0.01 6 0.3 0.0 13 0.01
KL18-03 229 232 0.005 50 0.02 0.01 71 16 9 9 0.01 2 0.01 0.0 13 0.01
KL18-03 232 235 0.0062 62 0.01 0.01 88 29 11 72 0.01 3 1.5 0.0 6 0.01
KL18-04 0 6 0.0202 202 0.06 1.6 2450 580 37 4 2 0.01 1.3 3.2 14 0.33
KL18-04 6 9 0.0063 63 0.02 0.01 195 78 8 5 1 0.01 0.3 1.9 15 0.01
KL18-04 9 11.4 0.0092 92 0.02 0.01 184 95 9 4 0.01 0.01 0.5 1.9 16 0.01
KL18-04 11.4 13.5 0.0193 193 0.04 0.01 393 227 20 9 1 0.01 1.3 2.6 18 0.01
KL18-04 13.5 16.5 0.006 60 0.01 0.01 257 148 23 12 1 0.01 0.01 1.8 14 0.01
KL18-04 16.5 18.8 0.0074 74 0.02 0.01 400 160 1 26 1 0.01 0.9 3.8 18 0.01
KL18-04 18.8 20 0.0141 141 0.03 0.01 262 23 37 8 0.01 0.01 0.6 2.3 20 0.01
KL18-04 20 22.5 0.028 280 0.06 1.2 740 95 90 23 5 2 1.9 4.4 17 0.2
KL18-04 22.5 25.3 0.0056 56 0.01 0.6 272 181 23 7 1 0.01 0.4 2.8 13 0.01
KL18-04 25.3 27 0.0128 128 0.14 3.9 960 1230 120 4 16 0.01 1.7 25.0 14 0.17
KL18-04 27 28.5 0.0291 291 0.1 2.5 630 590 170 9 11 0.01 2.3 13.2 14 0.12
KL18-04 28.5 30.8 0.0208 208 0.07 0.01 500 40 44 5 1 0.01 1.1 3.1 21 0.1
KL18-04 30.8 33 0.0113 113 0.02 0.01 280 142 13 9 2 0.01 0.01 2.5 15 0.01
KL18-04 33 35.4 0.102 1020 0.16 0.01 2100 133 35 11 11 3 0.5 6.6 22 0.01
KL18-04 35.4 37.5 0.11 1100 2.31 149 39600 42500 54 27 10 3 15.5 238.0 23 0.75
KL18-04 37.5 40.5 0.081 810 0.16 2.2 2050 750 11 13 3 3 1 8.1 19 0.01
KL18-04 40.5 43.5 0.093 930 0.21 4.8 5400 1290 350 14 8 5 12.9 10.6 21 0.4
KL18-04 43.5 46.5 0.008 80 0.01 0.7 400 219 14 4 1 0.01 0.4 1.5 19 0.01
KL18-04 46.5 49.5 0.01 100 0.04 0.5 416 196 10 6 4 0.01 0.4 1.9 17 0.01
KL18-04 49.5 52.6 0.309 3090 0.17 1.9 1090 510 27 13 6 2 4.1 4.8 18 0.01
KL18-04 52.6 55.5 0.0379 379 0.13 0.5 356 55 18 14 1 0.01 0.5 4.0 24 0.01
KL18-04 55.5 58.5 0.0257 257 0.06 0.01 238 143 16 8 1 0.01 0.2 3.0 17 0.01
KL18-04 58.5 60 0.058 580 0.16 0.01 980 30 23 14 3 0.01 0.8 4.4 25 0.01
KL18-04 60 63 0.36 3600 0.86 2.1 5100 17 40 35 12 15 0.6 9.1 36 0.01
KL18-04 63 65.7 0.99 9900 1.88 2.2 2500 22 33 80 57 31 5.2 22.5 16 0.01
KL18-04 65.7 67.5 0.37 3700 1 2.5 132 37 10 240 4 8 0.2 12.3 58 0.01
KL18-04 67.5 69.5 0.8 8000 1.81 4 360 125 35 330 6 14 1.2 10.4 60 0.01
KL18-04 69.5 72.7 0.223 2230 0.17 2.2 880 720 39 154 7 8 1.2 6.9 69 0.13



Appendix V - 28 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-04 72.7 75.7 0.392 3920 0.51 4.6 1250 870 82 187 6 13 3.5 15.0 66 0.2
KL18-04 75.7 78.7 0.2 2000 0.38 0.5 219 55 8 250 2 10 0.4 3.3 53 0.01
KL18-04 78.7 80.2 0.282 2820 0.25 0.5 118 23 15 220 2 10 0.2 4.3 50 0.01
KL18-04 80.2 83.1 1.28 12800 2.3 1.8 371 24 6 16 22 33 0.6 22.3 26 0.01
KL18-04 83.1 84.7 0.62 6200 1.1 0.7 168 18 9 77 17 9 0.01 10.6 29 0.01
KL18-04 84.7 87.7 0.8 8000 2.96 1.3 198 31 11 33 9 16 0.9 11.5 17 0.01
KL18-04 87.7 90.7 0.86 8600 2.02 2.1 269 78 8 65 16 10 0.4 8.6 29 0.01
KL18-04 90.7 93.7 0.465 4650 1.02 3.2 440 153 17 70 4 11 0.9 8.2 33 0.01
KL18-04 93.7 96.7 0.528 5280 0.76 6.7 1150 356 41 50 6 13 1.9 8.2 32 0.01
KL18-04 96.7 99.7 1.06 10600 2.08 3.4 163 17 15 25 2 20 0.3 21.5 23 0.01
KL18-04 99.7 102.7 0.58 5800 1.05 0.6 119 16 5 11 1 14 0.01 7.8 16 0.01
KL18-04 102.7 105.7 0.448 4480 0.75 0.5 200 18 7 51 3 12 0.01 8.9 18 0.01
KL18-04 105.7 107.5 1.02 10200 1.62 1.3 303 13 10 11 2 30 0.01 19.0 18 0.01
KL18-04 107.5 110 1.57 15700 1.68 1.7 323 18 14 40 0.01 36 0.01 42.0 18 0.01
KL18-04 110 111.7 0.503 5030 0.61 0.6 198 23 15 400 0.01 12 0.3 9.6 33 0.01
KL18-04 111.7 114.7 0.115 1150 0.86 0.01 71 12 27 1100 1 4 1 10.1 42 0.01
KL18-04 114.7 117.4 0.165 1650 0.47 0.8 850 137 55 750 2 6 2.2 10.7 46 0.01
KL18-04 117.4 120.5 0.146 1460 0.41 0.6 283 19 27 560 1 6 0.6 9.2 21 0.01
KL18-04 120.5 123.7 1.28 12800 1.63 2.8 4200 33 28 62 4 22 1 28.0 35 0.14
KL18-04 123.7 126.7 1.02 10200 1.23 4.8 5300 22 21 14 7 35 0.5 35.0 21 0.01
KL18-04 126.7 128.6 0.645 6450 0.36 3.8 9700 16 20 11 4 25 0.8 14.8 21 0.01
KL18-04 128.6 130.6 1.34 13400 1.27 4.9 1750 10 12 44 5 43 0.4 41.5 18 0.01
KL18-04 130.6 132.7 0.97 9700 0.7 5.2 4300 17 18 14 14 50 7 27.0 29 0.01
KL18-04 132.7 135.7 1.07 10700 1.25 3 1640 14 22 68 3 54 2.9 36.2 22 0.01
KL18-04 135.7 138.7 1.08 10800 1.11 2.6 1020 27 22 150 2 63 3.6 25.5 17 0.01
KL18-04 138.7 141.7 0.78 7800 0.59 1.6 970 15 27 31 2 31 0.5 12.0 21 0.01
KL18-04 141.7 144.7 1.09 10900 0.8 2.8 3300 12 12 16 2 69 0.7 23.0 14 0.01
KL18-04 144.7 147.2 2.01 20100 1.01 3.5 6000 12 14 153 1 68 0.01 85.3 60 0.01
KL18-04 147.2 149.5 1.81 18100 1.12 2.6 13600 9 27 18 2 108 0.01 21.0 52 0.01
KL18-04 149.5 151.7 2.21 22100 1.08 5.8 19500 14 58 42 0.01 120 0.2 10.0 75 0.01
KL18-04 151.7 153.7 1.32 13200 1.05 10.6 12700 208 48 122 3 105 3.5 16.0 109 0.01
KL18-04 153.7 156.7 1.7 17000 2.32 10.4 28600 27 69 295 21 78 0.6 78.0 106 0.01
KL18-04 156.7 159.7 1.16 11600 2.68 5.4 4700 19 85 128 9 103 0.8 35.3 83 0.01
KL18-04 159.7 162.7 1.4 14000 0.88 3.1 1100 12 220 27 0.01 92 2.6 7.0 75 0.01
KL18-04 162.7 165.5 1.21 12100 0.9 2.2 1710 20 300 16 0.01 54 6.8 10.5 125 0.01
KL18-04 165.5 167.9 0.0246 246 0.15 0.01 2100 79 42 12 0.01 9 4.9 3.1 20 0.01
KL18-04 167.9 169.7 0.56 5600 1.15 3.7 20700 11 210 3 2 60 2.7 0.0 60 0.1
KL18-04 169.7 171.7 0.0176 176 0.14 0.01 510 9 20 6 0.01 0.01 0.6 1.0 42 0.01
KL18-04 171.7 174.7 0.165 1650 0.22 3.9 6300 600 57 38 7 13 3.1 14.7 35 0.01
KL18-04 174.7 177.7 0.0261 261 0.15 2.1 790 259 52 11 3 0.01 3.9 2.7 36 0.01
KL18-04 177.7 180.7 0.057 570 0.14 1.5 520 83 34 4 0.01 0.01 1.4 2.5 18 0.01
KL18-04 180.7 183.7 0.0024 24 0.05 0.5 560 27 10 3 0.01 0.01 0.6 3.0 17 0.01
KL18-04 183.7 186.7 0.006 60 0.01 0.01 114 22 20 2 0.01 0.01 1 1.1 13 0.01
KL18-04 186.7 189.5 0.0201 201 0.04 0.01 205 19 26 3 0.01 0.01 2.1 2.2 16 0.01
KL18-04 189.5 192.5 0.0068 68 0.04 3.2 1410 510 20 2 0.01 0.01 1.5 1.8 14 0.01
KL18-04 192.5 195.7 0.0142 142 0.1 5 2300 600 47 4 0.01 0.01 3.8 4.7 27 0.01
KL18-04 195.7 198.7 0.0017 17 0.01 0.01 243 70 10 5 0.01 0.01 0.3 1.0 17 0.01
KL18-04 198.7 201.7 0.0024 24 0.07 0.5 790 354 8 14 0.01 0.01 0.9 3.6 35 0.01
KL18-04 201.7 204.7 0.0024 24 0.02 0.01 94 20 7 12 0.01 0.01 0.01 0.0 15 0.01
KL18-04 204.7 206.2 0.0016 16 0.04 0.01 128 56 6 4 0.01 0.01 0.01 0.9 15 0.01
KL18-04 206.2 210.4 0.003 30 0.06 0.01 223 149 9 24 1 0.01 0.2 2.1 16 0.01
KL18-04 210.4 213.4 0.0015 15 0.04 0.01 202 135 7 5 0.01 0.01 0.3 0.9 14 0.01
KL18-04 213.4 216.2 0.0039 39 0.09 3.1 1630 850 25 10 4 3 1.8 4.4 26 0.01
KL18-05 0 3 0.0213 213 0.07 2.9 1400 1540 13 6 1 2 1.6 6.6 16 0.1
KL18-05 3 5 0.0068 68 0.09 7.1 4590 6250 9 3 4 3 3.4 18.1 14 0.14
KL18-05 5 7.7 0.006 60 0.01 0.01 220 212 2 6 1 2 0.4 1.4 14 0.01
KL18-05 7.7 9.3 0.004 40 0.01 0.01 134 171 5 12 1 0.01 0.3 0.7 18 0.01
KL18-05 9.3 11 0.0032 32 0.02 0.01 80 75 16 11 1 2 0.4 0.7 19 0.01
KL18-05 11 14 0.004 40 0.01 0.01 128 74 8 11 1 3 0.3 1.4 17 0.01
KL18-05 14 17 0.0029 29 0.01 0.01 117 88 4 12 0.01 2 0.4 1.2 14 0.01
KL18-05 17 20 0.0032 32 0.01 0.01 123 81 6 8 2 2 0.2 1.2 17 0.01
KL18-05 20 23 0.0031 31 0.02 1.3 259 187 10 4 1 0.01 0.01 1.1 16 0.01
KL18-05 23 26 0.003 30 0.01 0.01 201 165 7 6 0.01 0.01 0.4 2.4 16 0.01



Appendix V - 29 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-05 26 28.6 0.0043 43 0.03 0.01 190 123 13 7 0.01 2 0.5 2.9 18 0.01
KL18-05 28.6 31.8 0.0168 168 0.05 0.01 274 63 24 23 1 2 0.01 2.9 18 0.01
KL18-05 31.8 34.8 0.0254 254 0.06 4.2 790 318 14 14 10 4 2.6 8.0 15 0.01
KL18-05 34.8 37.8 0.0047 47 0.01 0.01 87 90 6 0.01 0.01 3 0.01 3.1 10 0.01
KL18-05 37.8 41 0.0048 48 0.05 0.8 345 560 14 8 0.01 4 0.4 7.4 16 0.01
KL18-05 41 44 0.02 200 0.05 1 550 930 18 29 4 0.01 0.5 7.6 20 0.01
KL18-05 44 47 0.047 470 0.09 0.6 840 75 15 37 1 2 0.3 5.2 22 0.01
KL18-05 47 50 0.0185 185 0.22 7.6 1540 1180 28 24 8 0.01 2.4 19.5 33 0.37
KL18-05 50 53 0.0056 56 0.09 1.6 239 142 6 12 2 0.01 0.2 2.9 21 0.01
KL18-05 53 56 0.005 50 0.02 0.01 397 350 5 17 0.01 0.01 0.5 3.3 18 0.01
KL18-05 56 59 0.0054 54 0.02 0.01 450 15 9 7 0.01 0.01 0.01 0.6 21 0.01
KL18-05 59 61 0.0023 23 0.03 0.01 206 130 11 4 1 0.01 0.2 1.8 19 0.01
KL18-05 61 63.5 0.0049 49 0.01 0.01 370 530 6 16 1 0.01 0.01 5.3 16 0.01
KL18-05 63.5 66.5 0.0132 132 0.02 0.01 520 120 14 14 0.01 2 0.01 2.5 13 0.01
KL18-05 66.5 69.3 0.0388 388 0.09 0.01 1720 40 18 4 17 0.01 0.9 4.9 25 0.01
KL18-05 69.3 71 0.0143 143 0.06 0.01 338 0.01 15 4 0.01 2 0.01 2.8 17 0.01
KL18-05 71 74 0.0164 164 0.05 0.01 115 0.01 22 3 0.01 2 0.3 4.9 21 0.01
KL18-05 74 77 0.24 2400 0.79 0.7 21800 40 31 14 5 23 0.3 18.7 23 0.01
KL18-05 77 79.5 0.64 6400 1.21 1.4 2590 33 38 36 8 18 0.2 9.0 27 0.01
KL18-05 79.5 82.6 1.28 12800 1.85 3.1 490 39 11 740 12 32 0.8 31.0 59 0.01
KL18-05 82.6 84.3 0.119 1190 0.43 1.1 387 92 12 500 2 11 0.5 5.4 47 0.1
KL18-05 84.3 86 0.157 1570 0.37 0.5 68 21 3 410 1 14 0.5 2.8 45 0.01
KL18-05 86 89 0.161 1610 0.59 0.6 61 13 10 370 1 6 0.5 7.4 41 0.01
KL18-05 89 92 1.07 10700 1.58 2.8 10600 21 43 450 85 38 1.7 29.9 28 0.01
KL18-05 92 95 1.47 14700 2.23 3.4 2400 10 9 350 5 31 0.3 23.8 34 0.01
KL18-05 95 98 2.33 23300 2.29 3.2 760 16 8 210 12 36 1 42.0 19 0.01
KL18-05 98 101 0.67 6700 1.26 5.1 490 980 60 230 3 15 4 30.5 31 0.01
KL18-05 101 104 3.06 30600 4.67 3.7 332 19 18 35 16 41 1.2 37.8 37 0.01
KL18-05 104 107 0.73 7300 1.78 2.2 2610 19 10 250 42 37 0.4 20.0 15 0.01
KL18-05 107 109.5 0.59 5900 1.71 2.4 342 34 24 190 3 24 1.4 16.2 35 0.01
KL18-05 109.5 112.5 0.95 9500 1.27 2.8 960 205 120 180 8 27 8.3 35.4 28 0.01
KL18-05 112.5 114.5 0.377 3770 0.49 1.5 195 20 39 350 14 13 2.9 8.9 27 0.01
KL18-05 114.5 118.1 0.88 8800 1.34 8.5 3800 1320 82 350 6 32 0.9 23.5 26 0.1
KL18-05 118.1 120.8 1.67 16700 2.33 1.8 227 8 21 379 0.01 31 0.4 23.5 25 0.01
KL18-05 120.8 123 0.64 6400 0.68 0.01 132 17 16 710 1 13 0.6 21.4 43 0.01
KL18-05 123 125 0.236 2360 0.68 0.01 160 26 25 3500 7 8 0.7 15.6 58 0.01
KL18-05 125 128 0.366 3660 0.7 0.01 103 13 6 1000 2 11 0.3 15.3 57 0.01
KL18-05 128 131 0.445 4450 1.16 0.7 820 26 110 760 6 13 2.2 14.5 49 0.01
KL18-05 131 134 1.1 11000 1.82 5.4 14700 25 77 349 32 63 4.2 45.2 27 0.01
KL18-05 134 137 0.64 6400 0.51 2.7 9000 22 62 131 9 56 1.4 32.7 23 0.01
KL18-05 137 140 0.75 7500 0.56 3 2150 18 120 389 24 47 1.6 13.7 20 0.01
KL18-05 140 143 1.25 12500 1.23 3.4 550 10 14 365 3 51 1.1 30.0 24 0.01
KL18-05 143 146 1.17 11700 0.72 3.6 800 10 16 128 3 47 1.5 40.8 23 0.01
KL18-05 146 149 0.151 1510 0.24 1.6 4020 10 21 250 16 13 0.5 7.5 15 0.01
KL18-05 149 152 0.115 1150 0.41 6.2 8800 680 26 117 88 10 4.3 14.1 17 0.01
KL18-05 152 155 0.113 1130 0.43 14.4 3920 1370 110 104 58 8 3.4 16.0 29 0.1
KL18-05 155 158 0.162 1620 0.86 17.9 7700 1810 250 149 64 10 11 20.0 83 0.1
KL18-05 158 161 0.21 2100 0.64 17.3 23000 4580 320 195 58 11 10.2 41.8 73 0.01
KL18-05 161 164 0.0355 355 0.13 2.3 2760 510 77 32 11 5 1.4 10.2 22 0.01
KL18-05 164 167.3 0.011 110 0.2 0.01 540 40 31 9 2 7 1 3.1 22 0.01
KL18-05 167.3 170.3 0.0303 303 0.11 0.01 990 26 23 22 2 6 1 6.3 32 0.01
KL18-05 170.3 173 0.14 1400 0.51 1.6 13500 15 37 3 7 22 1 0.9 36 0.01
KL18-05 173 175.8 0.059 590 0.14 0.01 340 10 9 3 1 7 0.2 7.1 20 0.01
KL18-05 175.8 179 0.0206 206 0.09 0.01 1660 16 5 4 1 10 0.2 5.3 27 0.01
KL18-05 179 182 0.164 1640 0.21 2.1 820 60 32 3 1 10 0.3 12.6 39 0.01
KL18-05 182 185 0.0091 91 0.05 0.01 1150 141 17 7 2 4 0.01 5.0 28 0.01
KL18-05 185 187.8 0.0057 57 0.02 0.01 220 15 7 3 0.01 3 0.2 1.4 19 0.01
KL18-05 187.8 190.4 0.0291 291 0.07 0.01 1090 14 37 3 0.01 8 0.8 7.1 18 0.01
KL18-05 190.4 193.4 0.0108 108 0.06 0.01 920 12 26 2 1 3 0.4 2.7 20 0.01
KL18-05 193.4 195.1 0.0147 147 0.1 3.3 3320 960 31 6 40 4 0.8 15.0 21 0.01
KL18-05 195.1 198.2 0.0084 84 0.1 0.01 690 173 18 3 1 3 0.01 16.6 18 0.01
KL18-05 198.2 203 0.002 20 0.04 0.01 930 121 14 3 3 2 0.01 4.7 18 0.01
KL18-05 203 206 0.0055 55 0.06 0.01 780 39 16 13 0.01 0.01 0.01 3.5 20 0.01



Appendix V - 30 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-05 206 209 0.0012 12 0.01 0.01 216 13 9 4 0.01 0.01 0.01 0.7 27 0.01
KL18-05 209 212 0.0014 14 0.05 0.01 354 8 12 8 0.01 0.01 0.01 1.2 25 0.01
KL18-05 212 215 0.0018 18 0.03 0.01 263 9 15 7 0.01 2 0.01 1.2 24 0.01
KL18-05 215 218 0.0135 135 0.03 0.01 412 28 23 38 0.01 4 4.4 2.0 26 0.01
KL18-05 218 221 0.0043 43 0.19 0.01 225 54 33 8 0.01 0.01 0.01 0.7 19 0.01
KL18-05 221 224 0.004 40 0.05 0.01 271 50 17 57 36 0.01 0.01 2.2 23 0.01
KL18-05 224 227 0.0265 265 0.06 0.01 950 26 12 33 0.01 3 0.01 3.7 25 0.01
KL18-06 0 9 0.0029 29 0.03 0.5 225 219 3 10 1 0.01 0.6 3.1 19 0.01
KL18-06 9 12 0.0232 232 0.1 7.6 2020 2350 42 9 28 0.01 1.5 8.3 28 0.01
KL18-06 12 15 0.0069 69 0.08 2.6 460 510 43 11 4 0.01 1.5 9.7 20 0.01
KL18-06 15 17.4 0.0046 46 0.04 1.5 402 327 31 13 2 0.01 1 5.3 23 0.01
KL18-06 17.4 20.3 0.0058 58 0.02 1.2 392 540 13 18 1 3 0.3 3.2 13 0.01
KL18-06 20.3 21.9 0.0075 75 0.05 2.3 910 940 22 19 3 0.01 0.6 12.5 21 0.01
KL18-06 21.9 23.9 0.0122 122 0.04 1.6 1370 1420 28 58 2 2 1.4 11.2 23 0.01
KL18-06 23.9 26 0.0081 81 0.17 1.8 930 400 26 17 7 3 2.1 4.6 61 0.01
KL18-06 26 27.9 0.0026 26 0.05 2 203 540 28 11 16 3 1.1 5.1 22 0.01
KL18-06 27.9 30 0.0047 47 0.01 0.8 273 475 8 43 0.01 5 0.2 7.4 23 0.01
KL18-06 30 33 0.0033 33 0.1 2 620 890 19 12 3 0.01 1.1 2.5 20 0.01
KL18-06 33 35 0.0009 9 0.02 0.6 94 147 6 6 0.01 0.01 0.8 11.0 17 0.01
KL18-06 35 37.5 0.0028 28 0.4 3.2 4140 600 55 7 5 0.01 1.4 4.8 16 1.77
KL18-06 37.5 40.1 0.0008 8 0.02 0.9 172 323 6 16 1 2 0.4 5.1 16 0.01
KL18-06 40.1 42 0.0012 12 0.02 0.01 200 131 2 20 0.01 0.01 0.01 2.2 13 0.01
KL18-06 42 44.8 0.001 10 0.02 0.01 123 160 7 10 0.01 0.01 0.6 3.4 22 0.01
KL18-06 44.8 48 0.0204 204 0.03 1.2 365 220 23 171 9 0.01 0.5 4.3 14 0.01
KL18-06 48 49.6 0.0274 274 0.03 1.1 650 113 20 53 7 2 1 3.0 16 0.01
KL18-06 49.6 51 0.051 510 0.03 1.8 820 211 35 16 18 3 0.01 3.5 21 0.01
KL18-06 51 54 0.0121 121 0.01 1.9 480 341 15 8 18 0.01 0.3 3.1 11 0.01
KL18-06 54 57 0.0089 89 0.01 1.3 310 323 15 3 14 4 0.4 2.6 21 0.01
KL18-06 57 60 0.0094 94 0.01 1.4 346 348 16 4 10 0.01 0.3 1.9 23 0.01
KL18-06 60 62.2 0.0049 49 0.01 0.9 221 215 7 3 6 2 0.2 0.9 20 0.01
KL18-06 62.2 65.2 0.006 60 0.01 0.7 205 107 4 2 5 0.01 0.01 2.4 18 0.01
KL18-06 65.2 68.3 0.0042 42 0.01 0.01 228 159 6 4 2 0.01 0.3 1.8 17 0.01
KL18-06 68.3 70.4 0.0053 53 0.01 0.01 221 120 10 2 1 0.01 0.2 1.5 17 0.01
KL18-06 70.4 72.8 0.0057 57 0.01 0.9 239 286 12 8 2 0.01 0.4 6.6 18 0.01
KL18-06 72.8 75 0.0109 109 0.01 1.1 490 293 25 11 2 0.01 0.7 9.6 16 0.01
KL18-06 75 78.6 0.0231 231 0.01 1.4 1030 341 54 4 2 0.01 1.4 6.1 18 0.01
KL18-06 78.6 79.5 0.0032 32 0.01 0.8 195 280 4 0.01 6 0.01 0.2 1.6 17 0.01
KL18-06 79.5 81 0.006 60 0.01 0.6 314 580 10 9 2 0.01 0.01 5.2 16 0.01
KL18-06 81 84 0.0043 43 0.05 1.5 990 376 42 11 12 0.01 0.5 6.5 17 0.01
KL18-06 84 87 0.0013 13 0.01 1 316 304 8 5 0.01 0.01 0.4 5.5 17 0.01
KL18-06 87 90 0.0026 26 0.01 0.9 186 210 11 7 1 2 0.2 3.5 20 0.01
KL18-06 90 93 0.0074 74 0.03 0.6 275 56 8 5 4 4 0.2 4.8 21 0.01
KL18-06 93 96 0.185 1850 0.79 4.4 8200 136 32 4 105 19 5 14.9 22 0.01
KL18-06 96 99 0.0283 283 0.14 2 6600 166 13 5 99 14 3 9.8 18 0.01
KL18-06 99 102 0.21 2100 0.36 2.4 11300 88 11 3 19 19 0.9 13.2 17 0.01
KL18-06 102 105 0.0317 317 0.06 0.01 630 20 17 2 4 3 0.4 0.8 23 0.01
KL18-06 105 108 0.23 2300 0.14 2.2 760 21 12 23 2 9 0.7 4.2 21 0.01
KL18-06 108 111 0.0042 42 0.01 0.01 215 10 7 0.01 4 3 0.3 0.0 17 0.01
KL18-06 111 114 0.0144 144 0.02 0.01 232 16 8 12 2 0.01 0.3 0.0 21 0.01
KL18-06 114 117 0.0401 401 0.04 1.2 400 91 11 9 5 0.01 0.5 0.6 25 0.01
KL18-06 117 120 0.0026 26 0.13 0.6 212 20 11 0.01 2 0.01 1.1 1.0 19 0.01
KL18-06 120 123 0.0037 37 0.02 0.8 283 210 6 4 1 0.01 0.3 4.9 11 0.01
KL18-06 123 126 0.0072 72 0.03 1.6 235 840 32 4 6 2 0.9 17.7 17 0.01
KL18-06 126 129 0.0022 22 0.02 3 430 1300 28 40 16 3 1 10.0 15 0.01
KL18-06 129 132 0.063 630 0.03 2 950 490 14 4 6 2 1.1 18.3 23 0.01
KL18-06 132 135 0.0037 37 0.02 0.7 490 308 52 13 2 3 3.7 4.0 23 0.01
KL18-06 135 138 0.039 390 0.06 0.6 490 187 22 0.01 2 0.01 3.1 4.4 19 0.01
KL18-06 138 140.8 0.057 570 0.17 25.7 26300 12000 95 5 40 2 14.9 98.0 25 0.01
KL18-06 140.8 143.8 0.0108 108 0.08 5.7 4740 5000 28 6 18 2 9.8 106.0 17 0.01
KL18-06 143.8 145.5 0.0017 17 0.18 1.5 650 530 25 2 3 0.01 3.5 16.8 19 0.01
KL18-06 145.5 147 0.0011 11 0.03 0.7 500 550 12 5 0.01 0.01 2.7 40.0 15 0.01
KL18-06 147 150 0.0016 16 0.03 0.8 1040 1080 8 3 0.01 0.01 3.3 23.0 18 0.01
KL18-06 150 153 0.0016 16 0.18 2.1 1450 1050 22 5 2 0.01 7.2 29.0 25 0.01



Appendix V - 31 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-06 153 156 0.0024 24 0.04 0.8 354 354 13 5 0.01 0.01 4.4 10.7 18 0.01
KL18-06 156 159 0.0013 13 0.04 0.6 470 670 14 17 0.01 0.01 4.1 18.4 10 0.01
KL18-06 159 162 0.0029 29 0.03 2.6 300 1000 14 16 20 2 2.1 33.0 15 0.01
KL18-06 162 165 0.058 580 0.06 7.7 5400 11100 64 38 4 4 10.8 85.3 16 0.12
KL18-06 165 168 0.0238 238 0.12 24.6 8600 7000 77 15 0.01 0.01 43 37.0 19 0.86
KL18-06 168 171 0.0029 29 0.03 0.8 430 540 19 8 0.01 3 2.2 9.9 42 0.01
KL18-06 171 174 0.0129 129 0.06 3.6 610 1150 55 7 42 2 1.7 20.8 19 0.12
KL18-06 174 177 0.0018 18 0.02 1.2 315 620 27 2 5 2 0.6 5.1 16 0.21
KL18-06 177 179 0.0057 57 0.01 2.7 660 108 16 3 7 4 1.2 9.6 17 0.01
KL18-06 179 181.7 0.012 120 0.13 6.8 4900 2600 21 6 70 2 6.6 18.1 16 0.34
KL18-06 181.7 183.9 0.161 1610 0.54 4.9 10300 260 79 96 93 20 14 19.8 45 0.75
KL18-06 183.9 186 0.086 860 0.4 2.2 910 74 94 860 28 9 15.7 11.0 40 0.23
KL18-06 186 189 0.091 910 0.49 2.3 660 128 200 1300 26 8 17 24.5 168 0.15
KL18-06 189 192 0.084 840 0.27 0.8 490 55 56 730 5 8 7.8 8.8 101 0.17
KL18-06 192 195 0.307 3070 0.44 1.3 1650 135 280 390 115 15 15.7 17.9 87 0.4
KL18-06 195 198 0.074 740 0.39 1.1 700 116 51 740 16 8 4.7 14.3 115 0.17
KL18-06 198 200.8 0.056 560 0.11 0.6 1000 94 51 162 2 5 6.8 8.8 172 0.01
KL18-06 200.8 202.9 0.057 570 0.31 0.5 3090 42 57 850 14 8 2.5 10.5 50 0.01
KL18-06 202.9 205 0.67 6700 2.04 1.1 700 25 47 147 12 42 4 11.9 26 0.01
KL18-06 205 206.8 0.7 7000 1.2 2.4 55000 39 13 84 93 180 1.4 88.0 56 0.2
KL18-06 206.8 209.8 2.82 28200 1.68 6.7 86000 230 42 176 330 224 8.1 143.0 52 0.2
KL18-06 209.8 212.8 2.2 22000 1.07 4 1490 88 26 192 120 56 5.2 43.0 82 0.1
KL18-06 212.8 216 0.61 6100 1 2.5 3530 88 39 730 300 50 3.8 47.0 62 0.01
KL18-06 216 219 0.52 5200 0.85 2.8 3840 65 55 1470 410 61 1.5 80.0 88 0.01
KL18-06 219 222 0.49 4900 0.69 1.7 3700 42 29 530 40 47 1.2 29.0 97 0.01
KL18-06 222 225 0.3 3000 0.55 1.2 5900 30 25 53 38 51 3.9 16.3 64 0.01
KL18-06 225 228 0.44 4400 0.43 1.6 10900 37 23 7 4 41 3.5 16.1 29 0.01
KL18-06 228 231 0.34 3400 0.69 4.9 18600 145 39 6 30 30 6.3 42.0 116 0.01
KL18-06 231 234 0.04 400 0.74 26.3 1810 3670 43 13 355 4 1.2 58.8 45 0.1
KL18-06 234 237 0.0113 113 0.1 10.2 2420 2900 28 21 65 2 1 16.2 32 0.1
KL18-06 237 240 0.0165 165 0.08 2.1 1810 1740 43 18 14 3 0.3 12.9 52 0.01
KL18-06 240 243 0.102 1020 0.36 52.9 19900 25500 56 41 267 5 5.3 192.0 79 0.2
KL18-06 243 245.8 0.0123 123 0.07 2.4 1800 1130 35 45 16 2 0.3 10.9 51 0.1
KL18-06 245.8 247.7 0.09 900 0.42 10.5 30400 3900 83 210 116 13 1.6 110.0 39 0.01
KL18-06 247.7 251.9 0.0083 83 0.06 7.7 8100 5400 13 11 2 0.01 9.1 9.9 28 0.01
KL18-06 251.9 256.3 0.0082 82 0.04 1.3 1270 640 12 6 3 0.01 0.5 5.3 26 0.01
KL18-06 256.3 259.5 0.0058 58 0.04 1.6 1300 1170 14 2 2 0.01 1.1 6.3 18 0.01
KL18-06 259.5 264 0.0126 126 0.09 6.5 5040 8300 20 15 5 0.01 6 24.0 20 0.14
KL18-06 264 267 0.0114 114 0.07 6.5 2830 3750 22 13 5 0.01 3.7 12.0 21 0.1
KL18-06 267 270 0.021 210 0.08 8.1 3540 2720 18 29 5 0.01 4.3 16.7 30 0.1
KL18-06 270 273 0.0115 115 0.14 18.4 4500 4200 17 6 1 0.01 14.6 18.9 35 0.1
KL18-06 273 276 0.0143 143 0.46 98.8 4900 8600 40 6 0.01 0.01 34 37.9 33 0.12
KL18-06 276 278.3 0.25 2500 1.24 134 114000 102000 500 400 80 6 60 307.0 56 0.19
KL18-06 278.3 280.7 0.0106 106 0.25 10.2 2720 3100 47 31 1 4 4.8 25.5 54 0.12
KL18-06 280.7 284.3 0.0058 58 0.14 9 2550 2300 22 5 0.01 7 5.9 18.3 30 0.01
KL18-06 284.3 286.5 0.046 460 0.67 60.1 42800 23300 155 21 7 0.01 48 115.0 129 0.16
KL18-06 286.5 288 0.012 120 0.16 9.3 1780 1640 21 4 0.01 3 3.8 9.8 39 0.01
KL18-06 288 291 0.004 40 0.06 3.8 580 960 17 5 0.01 2 1.5 7.7 40 0.01
KL18-06 291 293.8 0.0041 41 0.05 1.6 258 440 18 5 0.01 3 1.4 4.2 40 0.01
KL18-06 293.8 296.6 0.0029 29 0.04 1.1 243 303 6 3 0.01 2 0.8 4.3 36 0.01
KL18-06 296.6 299.6 0.0033 33 0.04 1.5 246 297 20 5 0.01 2 1.4 5.2 38 0.01
KL18-06 299.6 302.5 0.0271 271 0.07 10.5 4600 10800 34 7 2 5 14.6 18.1 31 0.12
KL18-06 302.5 304.5 0.0161 161 0.22 21 6000 6700 95 8 1 3 18.5 19.5 58 0.01
KL18-06 304.5 308 0.0023 23 0.04 2.5 640 570 14 2 0.01 0.01 2 2.3 30 0.01
KL18-06 308 309.2 0.0278 278 0.4 30.2 4900 14500 71 77 0.01 3 22 80.0 126 0.14
KL18-06 309.2 311.8 0.0217 217 0.15 6.5 860 1100 56 20 0.01 0.01 3.3 8.8 40 0.01
KL18-06 311.8 314.5 0.008 80 0.07 5.8 475 1270 34 17 0.01 0.01 5.8 6.7 45 0.01
KL18-06 314.5 317.4 0.0153 153 0.09 3.6 1520 3100 100 10 5 3 10 7.0 35 0.01
KL18-06 317.4 321 0.0068 68 0.08 6.1 520 580 59 6 3 3 9.9 4.5 42 0.01
KL18-06 321 324 0.0022 22 0.09 9.3 560 790 42 6 0.01 2 7 7.2 33 0.01
KL18-06 324 326.3 0.003 30 0.07 8 2360 2820 46 6 0.01 2 6.7 20.5 26 0.01
KL18-07 0 3 0.081 810 0.06 14.5 8200 2900 110 11 5 5 13.6 8.0 14 0.8
KL18-07 3 6 0.01 100 0.02 0.01 352 312 15 10 1 6 0.8 4.3 18 0.01



Appendix V - 32 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-07 6 9 0.0097 97 0.06 0.01 124 91 17 14 3 4 0.8 1.5 21 0.01
KL18-07 9 12 0.0199 199 0.07 3.2 1420 239 30 16 5 4 0.6 8.7 23 0.01
KL18-07 12 15 0.008 80 0.04 0.01 215 32 13 15 1 3 0.3 3.0 18 0.01
KL18-07 15 17.7 0.0174 174 0.05 1.3 470 209 16 18 9 4 0.4 9.0 22 0.01
KL18-07 17.7 19.5 0.0204 204 0.05 0.01 367 67 25 40 3 7 0.4 1.5 26 0.01
KL18-07 19.5 21.6 0.0187 187 0.1 1.9 530 190 23 76 29 5 0.6 4.3 28 0.01
KL18-07 21.6 24 0.0114 114 0.09 5.5 308 186 13 41 41 2 0.2 2.8 18 0.01
KL18-07 24 27 0.0207 207 0.16 3.5 1920 51 18 10 17 5 0.4 5.5 20 0.01
KL18-07 27 29.3 0.0263 263 0.09 1.8 1520 25 16 14 5 5 0.3 0.8 20 0.01
KL18-07 29.3 31.5 0.0098 98 0.04 0.5 470 21 13 10 1 3 0.4 1.5 23 0.01
KL18-07 31.5 34.5 0.0076 76 0.03 0.01 420 19 10 13 1 2 1.2 3.3 28 0.01
KL18-07 34.5 38.3 0.0121 121 0.04 0.01 620 25 15 10 2 5 0.7 4.5 27 0.01
KL18-07 38.3 40.5 0.0178 178 0.02 0.01 750 24 16 8 3 4 0.9 3.3 28 0.01
KL18-07 40.5 43.5 0.11 1100 0.06 0.01 1130 125 13 8 3 10 1.9 10.4 32 0.01
KL18-07 43.5 47.5 0.26 2600 0.11 0.9 3350 15 36 23 4 26 6.1 38.3 34 0.01
KL18-07 47.5 51 0.82 8200 0.67 0.5 940 20 35 19 3 33 3.7 41.5 27 0.01
KL18-07 51 54 0.39 3900 0.68 1 13900 12 24 10 7 60 5.3 70.7 31 0.01
KL18-07 54 57 0.29 2900 0.92 0.9 14000 7 26 9 12 65 1.8 11.8 21 0.01
KL18-07 57 60.7 0.76 7600 1.24 2 2900 7 24 9 5 49 4 10.8 28 0.01
KL18-07 60.7 63.7 0.36 3600 0.67 0.9 9200 9 17 7 28 35 2.6 14.0 31 0.01
KL18-07 63.7 66.7 0.46 4600 0.39 2.1 3500 30 24 10 4 24 1.2 7.5 24 0.01
KL18-07 66.7 69.2 1.15 11500 1.29 2.2 910 10 6 27 4 37 0.7 13.1 41 0.01
KL18-07 69.2 72.7 0.0257 257 0.5 0.01 167 44 9 665 4 9 1.4 5.0 58 0.01
KL18-07 72.7 75.7 0.064 640 0.27 1.3 960 283 34 1125 10 7 8.6 12.0 174 0.01
KL18-07 75.7 78.7 0.085 850 0.44 0.6 258 144 35 950 5 10 6 7.0 115 0.01
KL18-07 78.7 81.7 0.179 1790 0.51 1.5 300 90 13 43 1 7 0.8 5.0 45 0.01
KL18-07 81.7 84.9 0.33 3300 0.49 2.1 560 348 38 695 4 12 5.1 9.3 93 0.01
KL18-07 84.9 87.7 1.32 13200 3.08 3.5 3200 62 11 9 6 31 1.5 22.5 18 0.01
KL18-07 87.7 90.7 0.38 3800 0.6 0.6 50600 76 23 70 6 76 1.2 19.0 25 0.1
KL18-07 90.7 93.7 0.49 4900 1.31 0.8 480 56 23 660 4 16 0.9 9.5 24 0.01
KL18-07 93.7 96.7 0.9 9000 1.57 1.2 10900 113 15 55 5 48 0.7 17.0 32 0.01
KL18-07 96.7 99.7 0.66 6600 1.19 1 830 182 9 26 2 19 0.2 9.0 21 0.01
KL18-07 99.7 102.7 0.38 3800 0.87 0.01 147 60 17 83 3 8 0.7 5.0 66 0.01
KL18-07 102.7 105.7 0.62 6200 1.59 1.7 267 165 12 191 2 12 0.6 12.8 58 0.01
KL18-07 105.7 108.7 0.57 5700 1.19 0.01 238 53 16 173 3 10 0.2 8.0 50 0.01
KL18-07 108.7 111.7 1.09 10900 2 1.8 187 7 21 330 7 22 0.3 14.8 26 0.01
KL18-07 111.7 114.7 0.92 9200 1.44 0.6 520 70 24 73 1 20 0.2 22.5 20 0.01
KL18-07 114.7 117.7 0.64 6400 0.7 0.01 124 19 5 11 1 12 0.01 5.3 27 0.01
KL18-07 117.7 120.7 1.06 10600 1.42 0.6 278 5 5 12 2 21 0.01 6.3 13 0.01
KL18-07 120.7 123.7 0.35 3500 0.41 0.01 580 14 5 57 4 8 0.01 5.0 22 0.01
KL18-07 123.7 126.7 0.58 5800 1.76 0.01 191 11 17 27 9 12 0.01 7.5 17 0.01
KL18-07 126.7 129.7 0.95 9500 2.89 2.8 96 0.01 25 76 19 11 0.01 9.9 18 0.01
KL18-07 129.7 132.7 0.28 2800 0.54 0.01 223 7 31 184 1 10 0.01 5.8 23 0.01
KL18-07 132.7 134.4 0.25 2500 0.43 0.01 70 24 22 151 0.01 10 0.2 2.5 21 0.01
KL18-07 134.4 136.5 0.48 4800 0.38 0.6 102 7 0.01 101 1 5 0.01 4.0 72 0.01
KL18-07 136.5 138.7 0.6 6000 0.75 0.01 96 7 9 101 1 6 0.01 5.5 43 0.01
KL18-07 138.7 141.7 0.54 5400 0.75 0.01 89 8 15 83 0.01 8 0.4 4.0 47 0.01
KL18-07 141.7 144.7 0.171 1710 0.1 0.6 27 13 3 60 2 3 0.01 2.5 21 0.01
KL18-07 144.7 147.7 0.072 720 0.06 0.01 51 23 4 381 1 2 0.01 1.6 18 0.01
KL18-07 147.7 150.7 0.095 950 0.17 0.01 52 8 4 420 1 5 0.01 1.0 17 0.01
KL18-07 150.7 153.7 2.35 23500 1.81 4.5 29600 14 22 1150 1 105 0.01 16.0 42 0.01
KL18-07 153.7 159.7 2.09 20900 0.92 2.5 1290 5 31 770 1 98 0.01 17.5 18 0.01
KL18-07 159.7 171.7 2.06 20600 1.47 3.8 261 0.01 4 154 8 40 3.4 9.0 23 0.01
KL18-07 171.7 174 3.59 35900 3.44 3.7 308 0.01 3 530 2 41 0.9 20.0 24 0.01
KL18-07 174 177 1.83 18300 1.56 1.3 143 0.01 2 455 1 38 0.2 10.0 11 0.01
KL18-07 177 180 2.31 23100 1.61 1.7 141 0.01 10 314 1 42 0.01 14.5 15 0.01
KL18-07 180 183 2.41 24100 1.65 1.8 172 0.01 0.01 146 1 60 0.01 18.0 12 0.01
KL18-07 183 186 2.72 27200 0.9 3.7 430 0.01 5 27 1 103 0.2 15.0 12 0.01
KL18-07 186 189 2.03 20300 0.98 3.4 287 0.01 43 43 2 75 0.4 9.0 11 0.01
KL18-07 189 192 1.25 12500 1.11 1.8 131 0.01 65 37 1 36 1.2 8.0 28 0.01
KL18-07 192 195 1.18 11800 1.01 2.2 98 0.01 140 29 0.01 37 0.8 7.5 20 0.01
KL18-07 195 198 2.37 23700 1.72 3 139 0.01 67 225 0.01 50 0.5 13.5 35 0.01
KL18-07 198 201 2.58 25800 2.05 3.4 171 0.01 30 311 0.01 51 0.3 16.9 34 0.01



Appendix V - 33 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-07 201 204 3.71 37100 2.74 3.8 197 0.01 20 100 0.01 35 0.3 12.0 30 0.01
KL18-07 204 207 3.7 37000 2.86 6.5 214 0.01 6 94 0.01 37 0.01 7.5 78 0.01
KL18-07 207 210 3.97 39700 2.28 6.5 213 0.01 8 262 0.01 33 0.01 6.3 100 0.01
KL18-07 210 213 1.88 18800 1.66 2.9 148 0.01 10 115 0.01 41 0.01 39.0 89 0.01
KL18-07 213 216 1.58 15800 1.59 1.3 124 0.01 14 224 1 20 0.01 11.0 107 0.01
KL18-07 216 219 0.51 5100 0.34 0.8 41 0.01 22 72 1 6 0.8 3.9 83 0.01
KL18-07 219 222 0.73 7300 0.47 0.9 68 0.01 9 127 0.01 14 0.4 4.8 87 0.01
KL18-07 222 225 0.3 3000 0.17 0.01 62 7 8 267 0.01 14 0.6 9.8 61 0.01
KL18-07 225 228 0.73 7300 0.71 0.01 74 5 3 20 1 16 0.01 11.0 128 0.01
KL18-07 228 231 1.44 14400 1.21 1.8 83 0.01 0.01 76 0.01 21 0.01 8.0 158 0.01
KL18-07 231 233.5 0.84 8400 0.51 1 57 0.01 0.01 167 0.01 18 0.01 6.0 107 0.01
KL18-07 233.5 235.5 1.47 14700 0.45 6.9 1000 440 420 132 62 17 12.7 11.0 80 0.1
KL18-07 235.5 238.5 1.5 15000 0.36 7.1 1230 640 530 230 46 13 9.8 4.0 71 0.21
KL18-07 238.5 241.5 1.23 12300 1.6 1.3 70 14 27 460 2 13 0.2 6.5 132 0.01
KL18-07 241.5 244.5 1.72 17200 2.3 2.9 58 6 28 226 3 15 1.1 8.3 135 0.01
KL18-07 244.5 247.5 1.32 13200 1.08 2.2 75 24 44 210 2 11 3.6 3.3 175 0.01
KL18-07 247.5 250.5 1.45 14500 1.1 2.6 106 65 100 248 2 14 5 2.5 124 0.01
KL18-07 250.5 253.5 1.52 15200 0.75 6 374 111 34 123 1 29 2.8 6.0 121 0.01
KL18-07 253.5 256.5 1.61 16100 1.13 7.1 93 21 30 410 1 16 2.1 7.0 91 0.01
KL18-07 256.5 259.5 1.07 10700 1.53 1.1 55 5 3 42 1 11 0.3 4.5 147 0.01
KL18-07 259.5 262.5 0.72 7200 0.53 3.4 640 500 28 80 3 10 5.5 5.0 132 0.01
KL18-07 262.5 265.5 1.19 11900 1.62 1.1 78 5 8 97 2 18 1 6.4 147 0.01
KL18-07 265.5 268.5 0.99 9900 1.4 0.7 58 0.01 2 89 0.01 14 0.3 4.5 122 0.01
KL18-07 268.5 271.5 0.77 7700 0.69 0.5 62 0.01 2 253 1 13 0.4 4.8 114 0.01
KL18-07 271.5 274.5 0.89 8900 0.92 0.7 75 9 2 182 1 17 0.2 3.0 73 0.01
KL18-07 274.5 275.5 1.7 17000 1.62 1.2 84 18 4 1250 1 18 0.2 4.5 72 0.01
KL18-07 275.5 280.5 1.09 10900 0.72 0.6 73 11 2 140 0.01 17 0.2 6.5 61 0.01
KL18-07 280.5 286.5 0.93 9300 1.09 0.01 63 8 2 40 1 14 0.2 5.8 64 0.01
KL18-07 286.5 292 0.73 7300 0.63 0.6 72 60 9 57 1 13 0.5 5.5 70 0.01
KL18-07 292 295.5 1.6 16000 0.84 1.4 106 22 10 135 1 18 0.7 5.0 70 0.01
KL18-07 295.5 299.5 1.4 14000 1.52 5.6 550 187 35 127 2 16 9.7 3.0 78 0.1
KL18-07 299.5 303 0.64 6400 0.4 0.6 96 17 5 100 2 10 0.2 4.5 77 0.01
KL18-07 303 305 0.74 7400 1.31 0.5 79 5 6 85 2 14 1.1 4.5 75 0.01
KL18-07 305 308 0.64 6400 0.54 0.01 67 0.01 4 30 1 15 0.4 3.8 73 0.01
KL18-07 308 310.5 0.53 5300 0.38 0.01 54 0.01 7 28 1 9 0.6 4.3 70 0.01
KL18-07 310.5 314 1.07 10700 0.75 0.7 64 0.01 6 60 1 17 0.5 4.8 76 0.01
KL18-07 314 317 1.2 12000 1.09 0.8 58 5 7 120 2 13 0.5 6.0 78 0.01
KL18-07 317 320 1.2 12000 1.25 0.7 66 6 7 45 2 14 0.01 5.5 77 0.01
KL18-07 320 322.5 1.21 12100 0.67 0.7 65 12 4 83 2 17 0.3 4.5 68 0.01
KL18-07 322.5 325.3 1.23 12300 0.72 0.8 116 39 6 275 1 25 0.3 4.5 70 0.01
KL18-07 325.3 328.5 1.7 17000 1.4 0.9 141 27 16 80 2 20 0.4 5.0 59 0.01
KL18-07 328.5 331.5 1.01 10100 0.76 1.1 114 36 11 75 1 15 1.3 5.3 61 0.01
KL18-07 331.5 334.5 0.83 8300 0.77 1 104 20 10 102 2 13 0.7 7.5 68 0.01
KL18-07 334.5 337.5 0.97 9700 0.88 3.3 530 315 110 45 1 13 3.9 7.3 76 0.01
KL18-07 337.5 340.5 0.93 9300 0.68 4 1010 480 180 30 2 10 12.3 6.5 58 0.01
KL18-07 340.5 345 1.16 11600 0.88 3.5 630 238 120 25 2 16 8.8 7.3 59 0.01
KL18-07 345 347.7 1.44 14400 1.29 3.2 204 16 8 14 1 24 1.2 10.7 60 0.01
KL18-07 347.7 350 0.57 5700 0.68 0.5 137 19 7 15 2 16 1 6.5 75 0.01
KL18-07 350 353 0.57 5700 0.67 0.01 146 12 5 18 2 15 1.1 6.0 71 0.01
KL18-07 353 356.5 1.05 10500 1.52 2.5 130 21 4 4 1 11 0.01 3.3 10 0.01
KL18-07 356.5 360 0.33 3300 0.43 1.2 377 193 31 83 1 4 2.8 3.5 33 0.01
KL18-07 360 363.6 0.315 3150 0.34 1 69 22 5 53 1 5 0.7 3.5 150 0.01
KL18-07 363.6 367 0.33 3300 0.3 1.1 128 49 7 13 1 4 0.8 2.3 112 0.01
KL18-07 367 370 0.39 3900 0.43 1.1 120 65 4 15 1 7 0.4 3.4 120 0.01
KL18-07 370 373 0.32 3200 0.25 0.8 136 103 3 10 1 6 0.01 2.5 187 0.01
KL18-07 373 376 0.43 4300 0.41 1.2 349 133 5 17 1 6 1.1 1.0 171 0.01
KL18-07 376 380 0.52 5200 0.53 1 114 34 6 8 1 7 0.4 3.0 141 0.01
KL18-07 380 383 0.58 5800 0.62 1.2 122 16 4 7 1 7 0.5 3.0 112 0.01
KL18-07 383 387 0.62 6200 0.75 1.7 308 73 20 10 2 7 1.5 4.0 112 0.01
KL18-07 387 392.9 0.27 2700 0.09 1.3 252 57 65 3 2 6 2 0.8 50 0.01
KL18-07 392.9 397.5 0.5 5000 0.35 0.9 76 16 26 10 0.01 8 0.6 3.2 66 0.01
KL18-07 397.5 401.3 0.45 4500 0.25 1 90 32 35 5 1 5 1.7 0.0 75 0.01
KL18-07 401.3 404.5 0.51 5100 0.38 0.9 59 17 17 14 0.01 8 0.6 0.0 80 0.01



Appendix V - 34 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-07 404.5 407 0.45 4500 0.27 1 59 13 7 37 0.01 8 0.3 1.1 61 0.01
KL18-08 0 5.3
KL18-08 5.3 8.6
KL18-08 8.6 12
KL18-08 12 15
KL18-08 15 18
KL18-08 18 21
KL18-08 21 24.5
KL18-08 24.5 27
KL18-08 27 30
KL18-08 30 33
KL18-08 33 36
KL18-08 36 40
KL18-08 40 43.5
KL18-08 43.5 47
KL18-08 47 51
KL18-08 51 56.6
KL18-08 56.6 60.2
KL18-08 60.2 66
KL18-08 66 69
KL18-08 69 72
KL18-08 72 75
KL18-08 75 78
KL18-08 78 81
KL18-08 81 84
KL18-08 84 87
KL18-08 87 90
KL18-08 90 93
KL18-08 93 96
KL18-08 96 99
KL18-08 99 102
KL18-08 102 105
KL18-08 105 108
KL18-08 108 111
KL18-08 111 114
KL18-08 114 117
KL18-08 117 120.5
KL18-08 120.5 123
KL18-08 123 126
KL18-08 126 129
KL18-08 129 132
KL18-08 132 135
KL18-08 135 138
KL18-08 138 141
KL18-08 141 144
KL18-08 144 147
KL18-08 147 150
KL18-08 150 153
KL18-08 153 156
KL18-08 156 159
KL18-08 159 162
KL18-08 162 165
KL18-08 165 168
KL18-08 168 171
KL18-08 171 174
KL18-08 174 177
KL18-08 177 180
KL18-08 180 183
KL18-08 183 186
KL18-08 186 189
KL18-08 189 192
KL18-08 192 195
KL18-08 195 198



Appendix V - 35 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-08 198 201
KL18-08 201 204
KL18-08 204 207
KL18-08 207 210
KL18-08 210 213
KL18-08 213 216
KL18-08 216 219
KL18-08 219 222
KL18-08 222 225.1
KL18-08 225.1 237
KL18-08 237 247
KL18-08 247 252
KL18-08 252 255
KL18-08 255 257
KL18-08 257 260
KL18-08 260 263.5
KL18-08 263.5 266.5
KL18-08 266.5 270
KL18-08 270 273
KL18-08 273 276
KL18-08 276 277.5
KL18-08 277.5 279.7
KL18-08 279.7 282.6
KL18-08 282.6 285.1
KL18-08 285.1 289
KL18-08 289 292.5
KL18-08 292.5 295.5
KL18-08 295.5 298.5
KL18-08 298.5 301.5
KL18-08 301.5 304.6
KL18-08 304.6 307.5
KL18-08 307.5 310.2
KL18-08 310.2 313.5
KL18-08 313.5 316.5
KL18-08 316.5 319.5
KL18-08 319.5 322.5
KL18-08 322.5 325.5
KL18-08 325.5 328.5
KL18-08 328.5 331.5
KL18-08 331.5 334.5
KL18-08 334.5 337.5
KL18-08 337.5 340.5
KL18-08 340.5 343.5
KL18-08 343.5 346.5
KL18-08 346.5 349
KL18-08 349 351.3
KL18-08 351.3 356.2
KL18-08 356.2 359.9
KL18-08 359.9 364.4
KL18-08 364.4 369.9
KL18-08 369.9 378.7
KL18-08 378.7 381.7
KL18-08 381.7 384.7
KL18-08 384.7 388
KL18-08 388 392.5
KL18-08 392.5 398.2
KL18-08 398.2 402.7
KL18-08 402.7 410.2
KL18-08 410.2 413.9 0.191 1910 0.12 0.01 29 8 3 3 0.01 6 0.01 4.0 49 0.01
KL18-08 413.9 417.5 0.132 1320 0.2 0.01 38 9 3 5 0.01 5 0.01 1.9 40 0.01
KL18-08 417.5 422.5 0.337 3370 0.17 0.01 64 14 5 32 0.01 11 0.7 4.8 69 0.01
KL18-08 422.5 430.7 0.92 9200 0.6 1.5 94 15 9 12 0.01 11 1 5.7 64 0.01
KL18-08 430.7 434 1.07 10700 0.62 1.4 90 16 10 28 0.01 9 1.5 6.0 59 0.01



Appendix V - 36 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-08 434 437.5 0.77 7700 0.4 1.6 82 14 12 66 1 11 0.7 8.0 63 0.01
KL18-08 437.5 443.2 0.81 8100 0.51 1.8 84 13 7 25 1 18 0.6 9.3 76 0.01
KL18-08 443.2 447.1 0.73 7300 0.71 1.5 69 9 4 22 1 15 0.2 8.8 68 0.01
KL18-08 447.1 452 1.01 10100 0.93 4.5 650 143 59 23 1 22 5.2 16.0 55 0.01
KL18-08 452 455.2 0.77 7700 0.75 2 212 42 240 50 1 23 18 9.8 62 0.52
KL18-08 455.2 458 0.98 9800 0.64 2.3 307 60 97 10 0.01 39 7.5 13.0 61 0.13
KL18-08 458 461.5 0.95 9500 0.48 1.9 352 79 4 36 0.01 59 0.2 17.0 56 0.01
KL18-08 461.5 467.5 1.35 13500 1.31 2 128 16 4 39 0.01 49 0.6 18.0 51 0.01
KL18-08 467.5 470.6 1.74 17400 1.8 2.5 90 15 13 75 6 23 0.7 29.5 69 0.01
KL18-08 470.6 473.5 0.63 6300 0.76 1.1 23 10 13 34 2 5 0.5 6.8 89 0.01
KL18-08 473.5 476.5 1.04 10400 1.26 2.1 60 26 86 32 3 6 2 9.0 86 0.01
KL18-08 476.5 480.7 0.66 6600 0.74 1.1 42 26 48 54 2 4 1.4 6.8 78 0.01
KL18-08 480.7 483.7 0.51 5100 0.59 0.9 106 15 110 37 1 5 1.2 5.5 88 0.01
KL18-08 483.7 486.7 0.48 4800 0.62 0.9 28 6 3 19 1 5 0.2 5.3 140 0.01
KL18-08 486.7 489.7 0.433 4330 0.43 1 101 10 8 38 1 9 0.01 5.9 113 0.01
KL18-08 489.7 492.7 0.57 5700 0.79 1 21 7 8 27 2 5 0.2 8.3 118 0.01
KL18-08 492.7 495.7 0.425 4250 0.61 0.7 22 11 3 40 1 4 0.01 5.3 106 0.01
KL18-08 495.7 498.7 0.54 5400 0.39 1 12 8 6 35 1 3 0.2 4.8 99 0.01
KL18-08 498.7 501.7 0.66 6600 0.87 1 28 10 8 35 2 7 1 8.5 163 0.01
KL18-08 501.7 504.7 0.55 5500 1.08 0.8 29 9 21 25 1 6 0.01 6.3 109 0.01
KL18-08 504.7 507.7 0.78 7800 0.69 0.9 23 10 3 26 2 8 0.3 6.0 85 0.01
KL18-08 507.7 510.7 0.69 6900 1.04 1 37 6 2 23 1 9 0.01 6.8 104 0.01
KL18-08 510.7 513.7 0.72 7200 0.58 1 42 7 3 27 0.01 9 0.2 7.0 143 0.01
KL18-08 513.7 516.7 0.5 5000 0.37 0.8 44 7 4 15 1 9 0.2 6.0 140 0.01
KL18-08 516.7 519.7 0.62 6200 0.63 0.8 38 6 3 9 0.01 6 0.01 5.0 158 0.01
KL18-08 519.7 522.7 0.503 5030 0.55 0.01 22 8 3 15 1 6 0.2 6.0 163 0.01
KL18-08 522.7 525.7 0.325 3250 0.36 0.6 23 6 6 9 0.01 4 0.3 2.0 109 0.01
KL18-09 0 5.2 0.0057 57 0.01 0.01 99 101 6 14 0.01 0.01 0.3 1.3 26 0.01
KL18-09 5.2 7.2 0.0044 44 0.01 0.01 69 80 3 5 0.01 0.01 0.01 0.8 26 0.01
KL18-09 7.2 10.2 0.0055 55 0.01 0.5 258 410 5 55 0.01 0.01 0.01 3.6 17 0.01
KL18-09 10.2 13.2 0.0037 37 0.05 1.9 403 860 20 20 3 0.01 0.4 7.2 20 0.01
KL18-09 13.2 16.2 0.0065 65 0.28 3 359 407 230 17 0.01 0.01 1 13.6 27 0.1
KL18-09 16.2 19.2 0.0014 14 0.01 0.5 263 244 7 10 0.01 0.01 0.4 2.8 18 0.01
KL18-09 19.2 22.2 0.0021 21 0.01 0.01 228 116 5 29 0.01 0.01 0.01 1.6 16 0.01
KL18-09 22.2 25.2 0.0022 22 0.01 0.01 211 409 5 40 0.01 0.01 0.3 3.1 18 0.01
KL18-09 25.2 28.2 0.0023 23 0.01 0.01 207 490 5 22 2 0.01 0.01 2.8 19 0.01
KL18-09 28.2 31.2 0.0018 18 0.02 2 123 234 8 8 5 0.01 0.3 2.8 24 0.01
KL18-09 31.2 34.2 0.0012 12 0.01 0.01 130 116 5 15 0.01 0.01 0.01 1.8 20 0.01
KL18-09 34.2 37.2 0.0011 11 0.03 1.5 245 400 6 22 8 0.01 0.01 5.3 21 0.01
KL18-09 37.2 40.2 0.002 20 0.01 0.01 193 770 3 22 0.01 0.01 0.6 3.2 13 0.01
KL18-09 40.2 43.2 0.0013 13 0.01 0.01 209 239 0.01 13 0.01 0.01 0.01 1.6 16 0.01
KL18-09 43.2 46.2 0.0008 8 0.01 0.01 155 200 1 20 0.01 0.01 0.2 1.2 23 0.01
KL18-09 46.2 49.2 0.0013 13 0.01 0.7 284 1000 3 20 0.01 0.01 0.5 2.3 19 0.01
KL18-09 49.2 52.5 0.001 10 0.01 0.01 140 242 1 25 0.01 0.01 0.01 1.3 16 0.01
KL18-09 52.5 55.5 0.0027 27 0.03 0.01 208 620 5 26 0.01 0.01 0.4 2.0 15 0.01
KL18-09 55.5 60.7 0.0023 23 0.05 0.01 250 391 10 16 0.01 0.01 0.01 2.0 16 0.01
KL18-09 60.7 63.8 0.003 30 0.02 0.01 331 810 5 13 0.01 0.01 0.3 2.4 18 0.01
KL18-09 63.8 67.2 0.0036 36 0.07 0.01 520 650 6 8 1 0.01 0.4 3.0 18 0.01
KL18-09 67.2 70.2 0.0054 54 0.05 0.6 1080 1220 12 10 0.01 0.01 0.6 4.6 11 0.01
KL18-09 70.2 73.2 0.0115 115 0.03 2.1 392 2450 14 18 3 0.01 1.5 3.2 21 0.01
KL18-09 73.2 76.2 0.0123 123 0.02 2.3 440 570 17 16 12 0.01 0.6 3.3 40 0.01
KL18-09 76.2 79.2 0.0066 66 0.01 0.7 387 244 10 5 6 0.01 0.01 2.3 18 0.01
KL18-09 79.2 82.2 0.0076 76 0.04 1.1 570 365 10 12 11 0.01 0.01 1.6 27 0.01
KL18-09 82.2 89.2 0.0142 142 0.02 1.1 720 480 16 4 10 2 0.6 2.6 16 0.01
KL18-09 89.2 96.7 0.0132 132 0.01 1.2 610 241 14 6 15 0.01 0.3 2.0 18 0.01
KL18-09 96.7 101.2 0.0079 79 0.01 0.01 352 37 14 4 2 0.01 0.2 1.1 18 0.01
KL18-09 101.2 104.2 0.0078 78 0.01 0.01 310 52 14 3 3 0.01 0.2 1.7 18 0.01
KL18-09 104.2 106.7 0.0064 64 0.01 0.01 230 69 10 8 4 0.01 0.01 1.0 21 0.01
KL18-09 106.7 110.2 0.009 90 0.02 0.6 570 372 11 13 5 0.01 0.3 2.8 28 0.01
KL18-09 110.2 116.2 0.012 120 0.01 1.8 403 460 24 4 8 0.01 0.4 4.9 17 0.01
KL18-09 116.2 128.2 0.0107 107 0.01 0.6 193 103 14 3 4 0.01 0.3 1.4 21 0.01
KL18-09 128.2 132.8 0.0137 137 0.01 0.6 198 137 11 2 3 0.01 0.01 0.8 21 0.01
KL18-09 132.8 137.2 0.004 40 0.01 2.1 710 1330 10 3 5 0.01 1.5 1.3 17 0.01



Appendix V - 37 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-09 137.2 146.2 0.0097 97 0.03 3.1 950 940 38 18 8 0.01 1.2 2.3 16 0.01
KL18-09 146.2 152.2 0.0062 62 0.01 0.6 116 185 16 4 3 2 0.3 1.1 18 0.01
KL18-09 152.2 162.8 0.0049 49 0.01 1.7 244 248 11 3 4 0.01 0.3 0.9 21 0.01
KL18-09 162.8 167.4 0.0047 47 0.01 2.5 205 372 8 4 7 0.01 0.2 0.8 20 0.01
KL18-09 167.4 170.4 0.0065 65 0.01 4.5 580 830 15 3 10 0.01 0.3 1.7 13 0.01
KL18-09 170.4 176.2 0.0039 39 0.01 0.8 143 205 6 14 3 0.01 0.01 2.0 17 0.01
KL18-09 176.2 182.2 0.0101 101 0.01 0.7 401 187 29 13 4 0.01 0.6 1.0 18 0.01
KL18-09 182.2 185.2 0.0058 58 0.01 0.5 229 179 13 8 2 0.01 0.01 1.4 20 0.01
KL18-09 185.2 188.2 0.004 40 0.01 0.8 179 349 9 76 1 0.01 0.4 1.5 18 0.01
KL18-09 188.2 192.7 0.0024 24 0.02 1.2 143 236 8 24 0.01 2 0.4 1.6 20 0.01
KL18-09 192.7 200.2 0.0026 26 0.02 1.2 420 330 5 20 1 2 0.6 1.1 20 0.01
KL18-09 200.2 215 0.0017 17 0.02 1.7 184 218 5 18 0.01 2 0.6 1.3 20 0.01
KL18-09 215 221.2 0.0024 24 0.06 2.2 156 157 10 18 0.01 2 0.7 1.8 20 0.01
KL18-09 221.2 227.2 0.0025 25 0.02 2.6 188 740 6 16 0.01 2 0.7 6.0 17 0.01
KL18-09 227.2 231.4 0.0016 16 0.02 1.3 135 226 7 12 0.01 2 0.6 1.5 18 0.01
KL18-09 231.4 234.7 0.0063 63 0.01 0.9 140 248 7 7 0.01 2 0.7 2.1 16 0.01
KL18-09 234.7 242.2 0.0058 58 0.01 1 89 175 6 6 0.01 3 0.4 0.7 18 0.01
KL18-09 242.2 248.2 0.0088 88 0.06 1.8 112 101 9 21 0.01 2 0.7 0.8 20 0.01
KL18-09 248.2 257.2 0.008 80 0.06 12.9 650 10500 19 22 0.01 2 10.5 9.0 18 0.01
KL18-09 257.2 262.7 0.0061 61 0.01 1.9 175 470 5 16 0.01 2 1 1.9 17 0.01
KL18-09 262.7 266.2 0.0097 97 0.01 1.4 107 268 7 19 0.01 2 0.7 2.3 20 0.01
KL18-09 266.2 269.2 0.0089 89 0.01 1.2 74 92 7 10 0.01 3 0.6 1.2 20 0.01
KL18-09 269.2 273.5 0.0088 88 0.01 3.4 119 201 8 7 0.01 2 0.7 3.0 16 0.01
KL18-09 273.5 279.2 0.0094 94 0.01 1.7 212 189 6 7 0.01 3 0.9 2.6 21 0.01
KL18-09 279.2 284.2 0.0176 176 0.01 0.9 109 190 3 6 0.01 3 0.6 1.6 18 0.01
KL18-09 284.2 289.6 0.0165 165 0.01 1.4 198 310 4 5 0.01 3 0.7 2.0 17 0.01
KL18-09 289.6 293.2 0.0161 161 0.01 1.5 226 520 7 9 0.01 3 1.2 2.3 16 0.01
KL18-09 293.2 297.6 0.0114 114 0.02 2.1 410 690 8 26 0.01 4 1.4 8.1 24 0.01
KL18-09 297.6 301.7 0.0072 72 0.06 11.2 2620 2700 23 21 0.01 2 4.6 9.6 22 0.15
KL18-09 301.7 305.2 0.0042 42 0.02 5.8 1490 1040 5 12 0.01 0.01 2.6 4.6 12 0.1
KL18-09 305.2 311.2 0.0097 97 0.02 1.6 209 255 4 17 0.01 0.01 0.7 3.3 20 0.01
KL18-09 311.2 316.4 0.0094 94 0.02 1.7 281 460 6 15 0.01 0.01 1.2 7.1 18 0.01
KL18-09 316.4 322.7 0.0155 155 0.02 0.9 137 295 6 27 0.01 0.01 0.6 2.8 16 0.01
KL18-09 322.7 327.6 0.0118 118 0.01 2.8 194 640 10 37 0.01 0.01 1 4.7 18 0.01
KL18-09 327.6 330.7 0.013 130 0.01 0.8 141 248 7 13 0.01 0.01 0.7 1.6 16 0.01
KL18-09 330.7 333.7 0.0148 148 0.07 4.6 760 1420 18 45 1 2 2.2 10.5 21 0.01
KL18-09 333.7 338.5 0.0138 138 0.03 3.2 740 1280 16 24 0.01 2 1.8 8.9 17 0.01
KL18-09 338.5 344.2 0.0071 71 0.01 2 272 520 7 27 0.01 0.01 0.8 4.6 20 0.01
KL18-09 344.2 349.5 0.0095 95 0.02 3.2 273 304 8 36 0.01 0.01 0.5 2.6 20 0.01
KL18-09 349.5 353.7 0.0061 61 0.02 2.1 191 173 8 45 0.01 0.01 0.6 2.1 19 0.01
KL18-09 353.7 357.2 0.0076 76 0.01 1 169 410 16 17 0.01 0.01 0.7 4.6 20 0.01
KL18-09 357.2 361.1 0.007 70 0.02 1.1 207 450 47 26 0.01 2 0.8 4.3 26 0.01
KL18-09 361.1 364.2 0.0101 101 0.11 4 810 1490 46 22 0.01 0.01 2.5 12.3 25 0.01
KL18-09 364.2 366.5 0.008 80 0.15 4.3 700 1170 34 40 0.01 2 2.6 7.4 22 0.01
KL18-09 366.5 369.8 0.0102 102 0.07 4.6 1070 3020 140 20 1 2 9.6 10.6 19 0.01
KL18-09 369.8 372.5 0.0091 91 0.06 5.8 690 1770 160 45 1 2 6 10.0 20 0.01
KL18-09 372.5 377.2 0.018 180 0.13 52.3 1450 1170 58 29 1 3 1.8 6.7 18 0.12
KL18-09 377.2 383.2 0.0235 235 0.06 45.9 2940 2040 140 19 1 2 18.3 13.3 14 0.14
KL18-09 383.2 386.2 0.0097 97 0.1 35.8 1270 3250 170 12 0.01 2 12.4 26.3 12 0.01
KL18-09 386.2 392.2 0.0117 117 0.16 20.1 1420 1740 22 50 1 3 4.8 9.0 20 0.15
KL18-09 392.2 395.2 0.046 460 0.21 109.5 6000 4900 150 65 40 4 25 20.1 25 0.7
KL18-09 395.2 398.2 0.0096 96 0.16 23 720 900 31 19 2 3 4.2 7.3 27 0.01
KL18-09 398.2 401.2 0.0083 83 0.1 11.2 600 910 12 26 2 3 1.7 10.8 25 0.01
KL18-09 401.2 404.2 0.012 120 0.29 18.5 1290 1820 22 50 4 3 3 22.0 43 0.01
KL18-09 404.2 407.2 0.0084 84 0.14 8.8 1630 1050 31 22 2 5 1.7 27.0 29 0.01
KL18-09 407.2 411.7 0.0034 34 0.11 5.2 398 460 45 19 1 2 1.6 6.7 30 0.01
KL18-09 411.7 415.5 0.0097 97 0.13 4.3 363 302 29 15 2 3 1.8 5.3 26 0.01
KL18-09 415.5 419.2 0.043 430 0.34 12.8 1900 1390 150 56 14 4 5 20.0 47 0.15
KL18-09 419.2 425.2 0.0072 72 0.22 25.9 1480 840 32 20 1 2 2.8 24.0 40 0.1
KL18-09 425.2 426.7 0.0086 86 0.27 11.5 1890 1520 52 98 0.01 3 3.2 48.0 43 0.1
KL18-09 426.7 428.2 0.0118 118 2.83 28.1 1460 1190 420 58 4 13 28 75.0 141 0.41
KL18-09 428.2 431.2 0.019 190 7.37 52 7780 4350 970 98 5 15 64 123.0 155 0.33
KL18-10 0 6 0.148 1480 0.06 2.4 400 358 89 36 1 0.01 26 3.4 17 0.01



Appendix V - 38 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-10 6 9 0.008 80 0.02 0.7 230 164 23 5 2 0.01 1 3.6 21 0.01
KL18-10 9 12 0.0079 79 0.05 0.5 118 71 17 24 3 0.01 0.9 3.2 23 0.01
KL18-10 12 14 0.043 430 0.55 80 14200 16300 32 25 9 0.01 9.8 380.0 22 0.01
KL18-10 14 17 0.0088 88 0.02 4.8 450 750 13 4 1 0.01 0.7 14.9 13 0.01
KL18-10 17 19.5 0.0203 203 0.08 4 1620 440 23 15 31 0.01 1.4 15.4 20 0.01
KL18-10 19.5 22.5 0.0216 216 0.05 1.6 480 263 11 7 9 0.01 1 6.8 24 0.01
KL18-10 22.5 25.5 0.0229 229 0.03 1.5 267 260 13 16 16 0.01 0.9 7.5 24 0.01
KL18-10 25.5 28.5 0.0273 273 0.09 1.7 370 306 21 7 13 0.01 0.6 7.1 19 0.01
KL18-10 28.5 31.5 0.0141 141 0.06 0.7 258 66 16 6 2 2 0.8 2.4 20 0.01
KL18-10 31.5 34.5 0.005 50 0.15 0.01 245 42 17 6 0.01 2 0.7 1.3 22 0.01
KL18-10 34.5 37.5 0.0354 354 0.11 1 358 176 8 23 4 4 1 5.2 42 0.01
KL18-10 37.5 40.5 0.111 1110 0.27 9.6 2960 2860 20 19 19 6 1.6 65.5 58 0.01
KL18-10 40.5 43.5 0.0069 69 0.08 0.01 310 57 15 7 5 0.01 0.2 3.0 23 0.01
KL18-10 43.5 46.5 0.0193 193 0.05 2.8 1100 1130 12 8 20 0.01 0.3 21.2 23 0.01
KL18-10 46.5 49.5 0.0069 69 0.01 1.4 490 610 15 6 10 0.01 0.7 11.6 20 0.01
KL18-10 49.5 52.5 0.0154 154 0.03 3.3 490 1000 15 6 21 0.01 0.5 44.0 21 0.01
KL18-10 52.5 55.5 0.056 560 0.07 1.6 262 220 19 131 7 6 0.6 6.4 81 0.01
KL18-10 55.5 58.5 0.0089 89 0.12 2 480 206 15 4 8 2 0.7 4.5 27 0.01
KL18-10 58.5 61.5 0.005 50 0.01 0.6 202 70 11 2 3 0.01 0.3 1.7 14 0.01
KL18-10 61.5 64.5 0.0223 223 0.02 1 375 145 13 3 4 2 0.3 4.5 21 0.01
KL18-10 64.5 66.7 0.041 410 0.02 1.8 630 224 12 6 5 2 0.8 4.7 22 0.01
KL18-10 66.7 69.1 0.0042 42 0.11 1.4 103 92 7 4 0.01 0.01 0.4 2.5 15 0.01
KL18-10 69.1 72 0.0212 212 0.05 7.1 1370 1650 17 9 14 0.01 0.7 41.8 30 0.01
KL18-10 72 75 0.0381 381 0.05 3.6 3030 2780 29 5 0.01 3 1.6 51.5 32 0.01
KL18-10 75 78 0.0289 289 0.06 4.9 4620 7500 18 4 3 3 1 52.5 26 0.01
KL18-10 78 81 0.0094 94 0.01 1.7 1050 1540 7 5 1 0.01 0.5 17.0 16 0.01
KL18-10 81 84 0.0073 73 0.04 1.9 590 650 8 3 1 3 0.6 11.1 20 0.01
KL18-10 84 87 0.0049 49 0.01 2.9 365 540 4 4 0.01 0.01 0.7 4.1 15 0.01
KL18-10 87 90 0.0038 38 0.01 1 332 500 4 2 0.01 0.01 0.6 3.8 12 0.01
KL18-10 90 93 0.0138 138 0.03 2.2 1180 2050 11 12 0.01 2 1.2 14.5 15 0.01
KL18-10 93 96 0.011 110 0.02 1.6 2380 3370 6 12 0.01 3 1.3 24.4 16 0.01
KL18-10 96 99 0.0063 63 0.04 2 950 1910 7 39 3 2 0.9 11.0 14 0.01
KL18-10 99 102 0.0148 148 0.04 8.6 4460 11000 13 22 3 3 4.1 46.0 16 0.01
KL18-10 102 105 0.0243 243 0.01 4.9 1480 4000 9 53 11 0.01 1.3 41.5 18 0.01
KL18-10 105 108 0.0196 196 0.01 3.5 1170 10400 28 23 0.01 0.01 2.6 43.3 16 0.01
KL18-10 108 111 0.0219 219 0.02 1.4 1150 1750 9 5 0.01 0.01 0.8 9.3 18 0.01
KL18-10 111 114 0.0247 247 0.01 6.3 1310 10500 13 40 0.01 0.01 5.8 28.5 15 0.01
KL18-10 114 117 0.0109 109 0.01 1.4 980 1310 10 5 0.01 0.01 1.5 7.6 16 0.01
KL18-10 117 120 0.041 410 0.01 1.7 1170 1550 15 30 0.01 2 1.7 13.2 16 0.01
KL18-10 120 123 0.0136 136 0.01 1.6 1130 1205 11 25 0.01 0.01 1.4 9.4 17 0.01
KL18-10 123 126 0.0051 51 0.01 1.3 377 530 5 5 0.01 0.01 0.9 3.9 11 0.01
KL18-10 126 127.6 0.0067 67 0.01 0.9 395 372 9 5 0.01 0.01 0.9 2.7 9 0.01
KL18-10 127.6 130.5 0.0141 141 0.03 1.2 560 750 5 6 15 0.01 0.7 12.5 13 0.01
KL18-10 130.5 133.5 0.125 1250 0.14 3.8 16700 19300 23 60 59 3 2.1 180.0 34 0.01
KL18-10 133.5 136.5 0.134 1340 0.07 12.8 15000 23400 12 60 10 2 3 175.0 17 0.01
KL18-10 136.5 139.5 0.24 2400 0.23 29.6 36500 54100 350 133 2 3 19.1 275.0 25 0.01
KL18-10 139.5 142.5 0.086 860 0.02 40 3810 7500 44 79 0.01 0.01 2.5 28.0 14 0.01
KL18-10 142.5 145.5 0.0409 409 0.18 27.4 24300 26800 25 98 0.01 0.01 7.9 53.5 17 0.1
KL18-10 145.5 148.5 0.064 640 0.22 35.3 28000 27400 230 56 4 0.01 16.2 48.5 21 0.47
KL18-10 148.5 151.5 0.088 880 0.13 13.5 25600 21000 250 55 4 0.01 12.6 30.0 22 0.17
KL18-10 151.5 154.5 0.0108 108 0.01 2.7 1940 1920 15 23 0.01 0.01 1.7 8.3 11 0.01
KL18-10 154.5 157.5 0.041 410 0.01 6.6 8100 8200 15 12 0.01 0.01 3.9 10.0 16 0.01
KL18-10 157.5 160.5 0.083 830 0.04 16.6 14500 21800 7 16 0.01 0.01 5.5 143.0 17 0.01
KL18-10 160.5 163.5 0.0157 157 0.03 2 2770 2480 16 4 0.01 0.01 1.2 13.0 16 0.01
KL18-10 163.5 166.5 0.0178 178 0.08 3.5 5100 3060 17 6 1 2 2.6 14.1 17 0.01
KL18-10 166.5 169.5 0.0138 138 0.05 1.8 3200 1920 20 3 0.01 0.01 1.9 5.5 21 0.01
KL18-10 169.5 172.5 0.045 450 0.19 5.6 7300 5200 42 37 3 3 4.7 25.5 19 0.1
KL18-10 172.5 175.5 0.0123 123 0.06 1.7 1910 1375 17 0.01 0.01 0.01 1.3 10.7 14 0.01
KL18-10 175.5 178.5 0.0145 145 0.07 1.3 460 550 9 4 0.01 4 0.8 8.6 18 0.01
KL18-10 178.5 181.5 0.123 1230 0.15 57.3 9400 67000 39 32 114 4 14.8 410.0 24 0.01
KL18-10 181.5 184.5 0.153 1530 0.11 29.3 3360 14000 20 35 710 15 4.4 132.0 15 0.01
KL18-10 184.5 187.5 0.62 6200 0.1 15.6 10400 2800 48 650 163 20 4.2 68.5 35 0.01
KL18-10 187.5 193.5 0.0283 283 0.06 3.7 3780 1560 46 960 11 0.01 5.4 11.2 39 0.01



Appendix V - 39 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-10 193.5 196.5 0.071 710 0.02 2 1480 490 12 1490 11 0.01 1 13.1 53 0.01
KL18-10 196.5 199.5 0.0255 255 0.04 2.5 2400 1850 22 450 9 0.01 3.6 9.1 88 0.01
KL18-10 199.5 202.5 0.0245 245 0.05 2.8 3570 800 16 123 4 0.01 1.7 7.4 37 0.01
KL18-10 202.5 205 0.0278 278 0.02 3.7 2930 490 18 75 26 2 0.6 7.5 43 0.01
KL18-10 205 208.2 0.058 580 0.04 2.1 11200 189 9 74 160 5 0.01 11.2 34 0.01
KL18-10 208.2 211.4 0.0304 304 0.28 2.5 1880 490 15 600 29 0.01 0.7 6.8 40 0.01
KL18-10 211.4 214.5 0.089 890 0.24 6.8 2910 1150 350 66 28 0.01 14.2 20.2 60 0.01
KL18-10 214.5 217.5 0.0108 108 0.01 0.5 282 118 10 910 1 0.01 0.7 3.1 57 0.01
KL18-10 217.5 220.6 0.0078 78 0.06 1.2 810 450 11 1010 2 0.01 0.3 5.3 88 0.01
KL18-10 220.6 223.5 0.0217 217 0.14 4 2560 910 38 450 13 2 3 9.2 89 0.01
KL18-10 223.5 226.5 0.35 3500 0.04 3 5000 261 17 121 75 11 1.3 11.9 47 0.01
KL18-10 226.5 229.5 0.0165 165 0.01 1 470 135 10 910 5 2 0.7 3.9 34 0.01
KL18-10 229.5 232.5 0.0133 133 0.01 0.5 920 136 6 980 3 4 0.8 4.9 38 0.01
KL18-10 232.5 235.5 0.071 710 0.33 3 4910 58 19 13 2 17 2.1 6.4 9 0.01
KL18-10 235.5 238.5 0.289 2890 0.36 1.5 1880 64 19 26 4 15 1.1 10.3 33 0.01
KL18-10 238.5 241.5 0.173 1730 0.15 1.1 6200 100 14 78 6 14 0.9 6.9 12 0.01
KL18-10 241.5 244.5 0.76 7600 0.52 5.9 450 224 22 440 110 17 0.8 7.3 7 0.01
KL18-10 244.5 247.5 0.51 5100 0.55 2.3 6700 100 20 155 13 13 1.4 7.2 27 0.01
KL18-10 247.5 250.5 0.27 2700 0.18 1.5 152 19 7 530 8 3 1.1 4.4 44 0.01
KL18-10 250.5 253.5 0.44 4400 0.4 2.5 1380 19 16 465 7 10 0.2 0.0 66 0.01
KL18-10 253.5 256.5 0.75 7500 2.1 1.8 950 19 34 230 10 20 0.4 8.2 18 0.01
KL18-10 256.5 259.5 1.32 13200 1.53 3 490 27 18 135 7 15 0.2 10.2 49 0.01
KL18-10 259.5 262.5 0.354 3540 0.66 1.5 210 14 8 269 2 14 0.01 5.4 79 0.01
KL18-10 262.5 265.5 0.417 4170 0.39 1.2 120 13 14 310 1 6 0.01 4.8 49 0.01
KL18-10 265.5 268.5 1.01 10100 0.55 7.5 14700 201 130 78 2 43 9.3 10.8 35 0.01
KL18-10 268.5 271.5 0.371 3710 0.32 2.5 1100 202 33 403 3 21 7.3 8.1 113 0.01
KL18-10 271.5 274.5 0.67 6700 0.63 2.2 1100 24 19 258 62 26 0.8 8.1 51 0.01
KL18-10 274.5 277.5 1.57 15700 1.65 1.7 19200 11 30 440 47 51 0.2 18.5 58 0.01
KL18-10 277.5 280.5 1.35 13500 1.18 2.9 3600 31 12 234 4 32 0.01 17.0 14 0.01
KL18-10 280.5 283.5 0.78 7800 0.93 2.2 850 27 11 118 2 15 0.01 7.6 34 0.01
KL18-10 283.5 286.5 0.314 3140 0.3 1.9 1540 210 120 271 8 9 2.2 8.6 80 0.01
KL18-10 286.5 291.7 0.454 4540 0.43 1.8 220 59 33 100 4 10 1.2 7.9 76 0.01
KL18-10 291.7 294.5 0.74 7400 0.93 2.7 170 34 22 980 12 11 2.1 14.2 54 0.01
KL18-10 294.5 298.5 0.99 9900 1.03 2.7 510 88 48 410 4 18 4.7 11.0 41 0.01
KL18-10 298.5 303.5 1.18 11800 0.66 3.3 410 29 26 311 5 15 1.6 15.5 40 0.01
KL18-10 303.5 306 2.32 23200 2.12 3.7 50800 86 39 116 4 131 1.4 64.0 50 0.01
KL18-10 306 309.5 1.19 11900 2.24 3.1 48000 30 26 188 3 37 1.1 16.0 44 0.01
KL18-10 309.5 312 0.363 3630 0.49 1.3 175 15 16 403 2 8 1.2 5.5 61 0.01
KL18-10 312 315 0.478 4780 0.48 1.5 161 12 23 490 2 14 1.4 4.6 32 0.01
KL18-10 315 317.5 1.44 14400 2.22 3.6 244 22 38 650 5 15 1.6 15.5 42 0.01
KL18-10 317.5 319.8 2.02 20200 4.18 7 390 36 40 128 40 59 1.3 19.8 35 0.01
KL18-10 319.8 323.3 0.72 7200 1.56 1.5 140 16 89 430 6 6 1.2 5.8 119 0.01
KL18-10 323.3 325.7 0.71 7100 1.37 1.5 110 15 91 440 5 9 1.2 7.4 123 0.01
KL18-10 325.7 328.5 1.35 13500 4.01 2.4 140 6 14 520 5 15 0.4 11.0 66 0.01
KL18-10 328.5 330.7 0.378 3780 1.61 1 65 8 17 2200 3 6 0.2 6.3 69 0.01
KL18-10 330.7 333.7 0.294 2940 0.24 1.1 147 41 88 710 2 6 3.1 4.0 114 0.01
KL18-10 333.7 336 0.227 2270 0.38 0.9 97 26 52 880 2 6 0.8 5.0 105 0.01
KL18-10 336 340.5 0.15 1500 0.14 0.8 88 16 24 367 1 8 0.6 4.0 82 0.01
KL18-10 340.5 343.5 0.92 9200 0.88 2.2 317 8 19 260 1 48 0.4 5.8 68 0.01
KL18-10 343.5 346.5 0.213 2130 0.29 0.01 70 5 14 52 0.01 11 0.01 3.4 43 0.01
KL18-10 346.5 349.5 0.254 2540 0.31 0.6 102 5 13 142 0.01 13 0.01 3.3 55 0.01
KL18-10 349.5 352.5 0.6 6000 0.67 0.9 235 0.01 16 89 0.01 22 1.1 4.9 36 0.01
KL18-10 352.5 355.5 0.441 4410 0.51 0.9 160 6 13 167 0.01 24 0.8 5.1 57 0.01
KL18-10 355.5 358.5 0.74 7400 1.2 1.5 150 5 3 36 0.01 30 0.2 8.4 38 0.01
KL18-10 358.5 361.5 1.52 15200 2.9 3 170 11 8 189 0.01 40 0.4 16.0 49 0.01
KL18-10 361.5 364 0.35 3500 0.36 1.2 170 84 4 33 0.01 25 0.3 4.8 69 0.01
KL18-10 364 367 1.02 10200 2.13 5.8 780 660 28 102 7 24 0.9 13.3 30 0.01
KL18-10 367 370 0.7 7000 0.78 3.2 237 74 21 324 5 16 0.6 9.5 36 0.01
KL18-10 370 373 2.11 21100 3.72 6.9 600 218 12 146 2 71 0.5 9.8 75 0.01
KL18-10 373 376 0.61 6100 1.03 1.5 72 47 4 270 0.01 12 0.2 7.0 38 0.01
KL18-10 376 379 1.7 17000 2.66 4.1 305 30 3 306 0.01 32 0.3 13.0 36 0.01
KL18-10 379 382 2.88 28800 2.78 5 1070 48 6 15 1 84 0.4 10.0 54 0.01
KL18-10 382 384.4 2.13 21300 6.1 7.6 420 34 6 204 1 50 0.3 9.0 34 0.01



Appendix V - 40 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-10 384.4 387.4 1.76 17600 1.84 3.6 272 22 10 24 1 37 0.7 18.5 40 0.01
KL18-10 387.4 390.4 1.4 14000 0.84 2.8 155 13 9 34 1 36 0.9 16.8 120 0.01
KL18-10 390.4 393.4 1.6 16000 1.44 1.6 113 13 5 40 1 24 0.4 14.0 73 0.01
KL18-10 393.4 396.4 1.34 13400 1.86 1.1 55 12 1 6 2 11 0.01 13.0 70 0.01
KL18-10 396.4 399.4 3.63 36300 2.72 13.6 71 26 470 11 8 14 18 13.0 86 0.01
KL18-10 399.4 402.4 0.83 8300 0.68 1.5 44 18 360 2 4 18 20 31.4 41 0.01
KL18-10 402.4 405.4 1.71 17100 0.62 1.2 50 22 31 20 0.01 20 2.2 12.0 90 0.01
KL18-10 405.4 408.4 2.43 24300 2.18 2.1 52 25 8 53 5 15 1.4 16.0 43 0.01
KL18-10 408.4 411.4 1.89 18900 2.34 2.3 85 9 2 299 4 5 0.2 8.5 116 0.01
KL18-10 411.4 414.4 1.21 12100 1.71 1.8 54 15 2 42 3 9 0.4 8.5 102 0.01
KL18-10 414.4 417.4 1.05 10500 2.89 2 67 14 0.01 37 2 11 0.7 8.3 113 0.01
KL18-10 417.4 420.4 1.61 16100 3.04 2.8 40 16 0.01 52 8 10 0.5 12.8 69 0.01
KL18-10 420.4 423.4 0.98 9800 1.03 2.4 34 18 14 24 4 8 1.5 6.3 53 0.01
KL18-10 423.4 426.4 0.8 8000 1.88 1.5 60 9 3 56 1 11 0.7 5.8 120 0.01
KL18-10 426.4 429.4 1.05 10500 2.58 2.1 38 7 1 104 3 8 0.01 5.0 126 0.01
KL18-10 429.4 432.4 0.92 9200 0.57 1.6 72 8 1 58 0.01 15 0.01 5.8 67 0.01
KL18-10 432.4 435.4 0.85 8500 1.78 2 47 10 8 86 4 6 0.6 4.3 67 0.01
KL18-10 435.4 438.4 1.1 11000 1.42 1.6 67 13 0.01 36 2 13 0.01 6.1 70 0.01
KL18-10 438.4 441.4 0.64 6400 1 1.2 50 14 0.01 41 1 7 0.01 5.0 79 0.01
KL18-10 441.4 444.4 0.82 8200 1.07 1.5 75 15 1 25 1 10 0.2 6.0 86 0.01
KL18-10 444.4 447.4 0.65 6500 1.13 1.7 55 9 2 48 1 8 0.01 5.4 138 0.01
KL18-10 447.4 450.4 0.91 9100 0.73 1.2 71 15 3 37 1 14 0.4 6.5 112 0.01
KL18-10 450.4 453 0.66 6600 0.52 1.3 88 16 5 31 1 10 2.1 5.5 71 0.01
KL18-10 453 456 0.54 5400 0.55 1 71 5 1 34 0.01 7 0.01 4.5 63 0.01
KL18-10 456 459 0.56 5600 0.86 1.1 43 6 0.01 26 1 6 0.01 3.8 67 0.01
KL18-10 459 462 0.55 5500 0.89 0.9 40 8 0.01 23 1 5 0.01 3.5 72 0.01
KL18-10 462 465 0.74 7400 1.06 1.5 50 9 7 29 2 7 1.1 5.8 111 0.01
KL18-10 465 468 0.57 5700 0.48 1 63 16 3 52 0.01 10 0.2 8.5 62 0.01
KL18-10 468 471 0.436 4360 0.41 1.2 84 15 2 75 0.01 12 0.3 6.4 112 0.01
KL18-10 471 474 0.44 4400 0.39 1.4 57 14 2 24 0.01 10 0.01 7.3 60 0.01
KL18-10 474 477 0.59 5900 0.67 1 62 9 4 19 1 9 0.01 5.0 103 0.01
KL18-10 477 480 0.417 4170 0.5 0.01 49 10 2 34 1 9 0.2 3.0 56 0.01
KL18-10 480 483 0.95 9500 1.63 1.6 76 10 1 34 3 9 0.01 4.5 93 0.01
KL18-10 483 486 1.51 15100 2.28 2.3 104 9 2 43 2 12 0.5 6.5 79 0.01
KL18-10 486 489 1.07 10700 1.24 2.3 77 11 2 68 1 16 0.2 6.3 112 0.01
KL18-10 489 492 1.24 12400 1.19 2.1 110 17 3 54 1 16 0.3 5.3 60 0.01
KL18-10 492 495 1.5 15000 1.44 2.1 115 5 2 234 1 17 0.01 4.6 122 0.01
KL18-10 495 498 0.565 5650 0.54 0.7 36 9 4 69 1 8 0.01 4.8 57 0.01
KL18-10 498 501 0.54 5400 0.56 0.8 65 11 3 197 1 10 0.01 4.0 83 0.01
KL18-10 501 504 0.56 5600 0.64 1.2 74 11 6 118 1 12 0.3 4.4 50 0.01
KL18-10 504 507 0.69 6900 0.95 1.4 73 9 3 31 0.01 13 0.01 4.8 91 0.01
KL18-10 507 510 0.25 2500 0.43 1.4 38 12 2 39 0.01 8 0.01 4.5 60 0.01
KL18-10 510 513 0.213 2130 0.21 0.6 37 13 3 20 0.01 9 0.01 4.8 88 0.01
KL18-10 513 516 0.297 2970 0.3 1 41 9 2 24 1 8 0.01 4.5 41 0.01
KL18-10 516 519 0.28 2800 0.2 0.01 50 5 2 55 1 12 0.01 5.7 89 0.01
KL18-10 519 522 0.476 4760 0.6 0.7 83 6 1 78 0.01 10 0.01 6.0 56 0.01
KL18-10 522 525 0.24 2400 0.34 0.6 57 15 3 25 0.01 8 0.01 4.3 90 0.01
KL18-10 525 528 0.265 2650 0.47 1 105 9 2 35 0.01 5 0.01 3.2 34 0.01
KL18-10 528 531 0.54 5400 0.53 1 255 10 6 76 2 7 0.2 6.5 95 0.01
KL18-10 531 534 0.45 4500 0.25 0.9 121 7 16 51 0.01 7 0.01 7.0 50 0.01
KL18-10 534 537 0.47 4700 0.28 1.4 84 12 27 87 0.01 10 0.2 4.5 73 0.01
KL18-10 537 540 0.489 4890 0.57 0.8 83 8 5 56 0.01 11 0.2 5.5 52 0.01
KL18-10 540 543 0.334 3340 0.41 0.6 61 9 3 34 1 7 0.01 5.5 48 0.01
KL18-10 543 546 0.325 3250 0.49 0.6 56 8 1 21 1 6 0.01 5.5 47 0.01
KL18-10 546 549 0.178 1780 0.26 0.6 61 9 3 32 1 6 0.01 4.3 40 0.01
KL18-10 549 552 0.126 1260 0.18 0.01 40 7 3 69 0.01 6 0.01 3.2 44 0.01
KL18-10 552 555 0.124 1240 0.14 0.01 31 8 7 50 0.01 4 0.01 2.0 37 0.01
KL18-10 555 558 0.245 2450 0.25 0.7 41 6 1 81 0.01 3 0.01 3.1 41 0.01
KL18-10 558 561 0.28 2800 0.27 1 53 9 1 159 1 5 0.01 3.5 40 0.01
KL18-10 561 563 0.176 1760 0.21 0.7 39 8 1 56 0.01 5 0.01 3.5 57 0.01
KL18-10 563 566 0.105 1050 0.13 0.01 31 7 0.01 37 0.01 7 0.01 2.3 44 0.01
KL18-10 566 569 0.21 2100 0.15 0.01 183 21 4 34 1 10 0.01 3.3 69 0.01
KL18-10 569 572 0.23 2300 0.24 0.01 207 20 3 22 1 10 0.01 2.8 54 0.01



Appendix V - 41 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-10 572 575 0.299 2990 0.33 0.6 386 19 5 67 2 10 0.01 4.3 84 0.01
KL18-10 575 578 0.2 2000 0.21 0.01 201 12 2 96 1 10 0.01 3.5 62 0.01
KL18-10 578 580.1 0.136 1360 0.08 0.01 73 16 5 43 1 4 0.3 2.3 93 0.01
KL18-10 580.1 582 0.334 3340 0.31 0.8 276 21 4 157 1 7 0.01 3.5 67 0.01
KL18-10 582 585 0.555 5550 0.44 1.3 97 11 6 120 2 10 0.01 4.9 64 0.01
KL18-10 585 588 0.26 2600 0.23 0.01 60 6 2 17 1 8 0.2 3.8 68 0.01
KL18-10 588 591 0.159 1590 0.13 0.01 46 7 2 23 1 7 0.01 2.8 64 0.01
KL18-10 591 594 0.09 900 0.07 0.01 60 14 1 24 1 4 0.01 1.5 63 0.01
KL18-10 594 597 0.078 780 0.05 0.01 105 18 1 19 1 5 0.01 1.5 57 0.01
KL18-10 597 600 0.094 940 0.06 0.01 60 13 3 30 1 6 0.01 1.8 59 0.01
KL18-10 600 603 0.082 820 0.07 0.01 70 34 2 51 1 5 0.01 1.3 53 0.01
KL18-10 603 606 0.083 830 0.05 0.01 47 14 4 24 1 5 0.01 2.0 63 0.01
KL18-10 606 609 0.119 1190 0.08 0.01 41 6 3 20 1 8 0.01 2.0 76 0.01
KL18-10 609 612 0.081 810 0.06 0.01 41 15 2 28 0.01 6 0.01 2.0 65 0.01
KL18-10 612 615 0.099 990 0.09 0.01 133 8 1 52 1 7 0.3 2.3 84 0.01
KL18-10 615 618 0.257 2570 0.15 0.8 620 51 3 83 1 9 0.5 4.9 92 0.01
KL18-10 618 621 0.096 960 0.09 0.01 59 14 1 37 1 8 1.5 2.8 91 0.01
KL18-10 621 624 0.149 1490 0.12 0.01 37 7 2 30 1 11 0.01 4.5 84 0.01
KL18-10 624 627 0.115 1150 0.09 0.01 85 31 2 61 1 10 0.01 2.9 98 0.01
KL18-10 627 630 0.162 1620 0.14 0.01 48 8 2 84 1 13 0.01 7.0 97 0.01
KL18-10 630 633 0.193 1930 0.15 1.4 40 43 3 111 1 12 0.01 5.3 95 0.01
KL18-10 633 636 0.311 3110 0.24 1.3 58 25 2 119 1 15 0.5 6.8 104 0.01
KL18-10 636 638 0.181 1810 0.18 0.01 49 8 0.01 88 2 13 0.01 4.3 116 0.01
KL18-10 638 641 0.221 2210 0.17 0.01 56 9 2 42 1 9 0.01 3.8 119 0.01
KL18-10 641 644 0.152 1520 0.14 0.01 51 9 0.01 31 1 8 0.01 3.1 120 0.01
KL18-10 644 646 0.071 710 0.07 0.01 43 9 1 18 1 6 0.01 1.8 181 0.01
KL18-10 646 648 0.066 660 0.04 0.01 28 9 0.01 13 1 6 0.2 2.0 179 0.01
KL18-10 648 651 0.077 770 0.07 0.01 25 9 1 29 1 7 0.2 2.8 208 0.01
KL18-10 651 654 0.19 1900 0.18 0.9 40 6 0.01 37 1 10 0.01 3.7 195 0.01
KL18-10 654 657 0.158 1580 0.16 0.01 40 8 0.01 14 1 10 0.01 1.0 123 0.01
KL18-10 657 660 0.151 1510 0.13 0.01 40 7 1 26 1 15 0.01 3.5 81 0.01
KL18-10 660 663 0.137 1370 0.12 0.01 35 10 2 37 1 14 0.2 3.0 81 0.01
KL18-10 663 666 0.096 960 0.09 0.01 30 8 1 40 0.01 12 0.01 3.3 89 0.01
KL18-10 666 669 0.125 1250 0.12 0.01 39 6 1 31 0.01 8 0.01 2.3 90 0.01
KL18-10 669 672 0.29 2900 0.2 0.8 52 14 2 36 1 7 0.01 4.0 88 0.01
KL18-10 672 675 0.138 1380 0.09 0.01 38 8 2 26 0.01 8 0.01 3.8 90 0.01
KL18-10 675 678 0.153 1530 0.14 0.01 38 7 1 37 0.01 8 0.01 4.3 69 0.01
KL18-10 678 681 0.132 1320 0.09 0.01 37 5 4 50 1 9 0.01 3.8 86 0.01
KL18-10 681 683.6 0.24 2400 0.17 0.01 54 5 7 71 1 9 0.01 4.5 90 0.01
KL18-10 683.6 686.6 0.175 1750 0.15 0.01 45 8 7 48 1 5 0.01 3.3 218 0.01
KL18-10 686.6 688.2 0.153 1530 0.13 0.01 43 10 4 66 0.01 4 0.01 3.4 219 0.01
KL18-10 688.2 690 0.438 4380 0.28 1.2 95 7 58 59 1 9 4.2 6.7 169 0.01
KL18-10 690 693 0.352 3520 0.22 0.9 89 15 62 46 1 6 5.7 3.3 204 0.2
KL18-10 693 696 0.085 850 0.09 0.01 43 11 3 18 1 3 0.2 1.6 59 0.01
KL18-10 696 699 0.0302 302 0.01 0.01 27 17 2 11 0.01 3 0.3 0.5 49 0.01
KL18-10 699 702 0.0354 354 0.03 0.01 35 10 0.01 7 0.01 2 0.3 0.5 48 0.01
KL18-10 702 705 0.083 830 0.06 0.01 65 15 9 5 3 4 1 0.0 56 0.01
KL18-10 705 708 0.109 1090 0.24 0.01 39 20 4 6 2 2 0.3 1.5 60 0.01
KL18-10 708 711 0.06 600 0.04 0.01 42 17 7 16 2 3 1.3 0.0 121 0.01
KL18-10 711 714 0.0309 309 0.02 0.01 34 25 4 0.01 1 2 0.2 0.5 98 0.01
KL18-10 714 717 0.057 570 0.08 0.01 26 8 5 5 1 3 0.01 0.7 68 0.01
KL18-10 717 720 0.145 1450 0.32 0.01 42 10 3 3 1 3 0.01 1.3 67 0.01
KL18-10 720 723 0.046 460 0.05 0.01 23 5 5 7 0.01 3 0.01 0.5 117 0.01
KL18-10 723 725.2 0.084 840 0.08 0.01 31 8 24 147 0.01 2 0.5 1.3 106 0.01
KL18-10 725.2 727 0.185 1850 0.12 3.6 61 56 55 66 0.01 5 26 2.8 381 0.55
KL18-10 727 729 0.24 2400 0.21 0.8 51 50 34 57 0.01 6 11.4 2.1 221 0.15
KL18-10 729 732 0.56 5600 0.58 3 179 208 92 27 1 8 16 2.8 123 0.17
KL18-10 732 735 0.44 4400 0.36 1 72 26 30 45 0.01 9 3.1 2.8 48 0.01
KL18-10 735 738 0.374 3740 0.43 0.8 78 48 36 33 0.01 7 3.8 4.9 208 0.01
KL18-10 738 741 0.24 2400 0.29 0.01 48 20 17 53 0.01 6 1.1 1.8 197 0.01
KL18-10 741 744 0.434 4340 0.39 1.5 57 28 27 37 0.01 8 5.2 3.0 240 0.01
KL18-10 744 747 0.34 3400 0.29 0.8 81 39 38 43 0.01 8 1.7 2.3 165 0.01
KL18-10 747 750 0.24 2400 0.16 0.01 63 39 37 27 0.01 12 5.3 3.6 173 0.1



Appendix V - 42 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL18-10 750 753 0.26 2600 0.17 0.01 35 9 5 92 0.01 14 0.01 3.2 362 0.01
KL18-10 753 756 0.231 2310 0.21 0.8 46 8 13 42 0.01 8 4.4 3.6 374 0.12
KL18-10 756 759 0.369 3690 0.34 3.4 71 20 37 34 0.01 9 13.2 4.0 267 0.56
KL18-10 759 762 0.344 3440 0.25 0.7 43 7 15 29 0.01 16 0.9 4.3 391 0.01
KL18-10 762 765 0.275 2750 0.21 0.6 49 6 18 23 0.01 12 2.2 3.4 400 0.01
KL18-10 765 768 0.201 2010 0.14 0.01 44 7 21 35 0.01 11 0.7 3.0 364 0.01
KL18-10 768 771 0.169 1690 0.12 0.01 40 8 25 52 0.01 10 2.5 2.2 287 0.1
KL18-10 771 774 0.174 1740 0.12 0.8 64 12 37 28 0.01 8 3.8 4.1 260 0.01
KL18-10 774 777 0.117 1170 0.07 0.01 35 6 16 11 0.01 6 2.4 3.8 285 0.01
KL18-10 777 779.1 0.182 1820 0.15 0.01 36 6 23 14 0.01 7 0.8 3.0 388 0.01
KL18-10 779.1 781.9 0.18 1800 0.12 0.5 50 7 5 26 0.01 5 0.01 2.2 251 0.01
KL18-10 781.9 783.7 0.42 4200 0.33 7.9 82 8 110 125 1 7 54 3.4 240 1.73
KL18-10 783.7 786 0.126 1260 0.12 0.01 29 5 22 14 0.01 4 1.5 1.6 67 0.1
KL18-10 786 789 0.174 1740 0.1 0.7 35 7 31 21 0.01 3 5.8 2.1 61 0.17
KL18-10 789 792 0.229 2290 0.16 1.9 51 9 92 14 0.01 8 30 3.4 247 0.61
KL18-10 792 795 0.18 1800 0.09 1.7 50 12 66 18 0.01 4 14 2.4 71 0.48
KL18-10 795 798 0.152 1520 0.14 0.01 54 15 15 27 0.01 5 0.5 2.5 146 0.01
KL18-10 798 801 0.18 1800 0.17 0.01 57 19 16 39 0.01 7 0.9 2.4 72 0.1
KL18-10 801 804 0.16 1600 0.15 0.01 34 6 8 12 0.01 5 0.01 1.9 46 0.01
KL18-10 804 807 0.33 3300 0.28 1 62 5 2 17 0.01 4 0.01 2.7 201 0.01
KL18-10 807 810 0.26 2600 0.19 1.4 50 16 16 12 0.01 5 2.1 2.3 41 0.19
KL18-10 810 813 0.185 1850 0.17 0.9 36 0.01 16 18 0.01 6 3.8 3.3 45 0.1
KL18-10 813 816 0.198 1980 0.17 0.9 39 0.01 17 18 0.01 7 2.9 2.3 42 0.11
KL18-10 816 819 0.238 2380 0.19 1 51 10 9 38 0.01 7 0.7 3.1 55 0.01
KL18-10 819 822 0.205 2050 0.15 1.5 46 11 14 18 0.01 8 5.2 2.8 236 0.01
KL18-10 822 825 0.23 2300 0.17 0.9 49 11 22 15 0.01 6 2.4 2.2 256 0.19
KL18-10 825 828 0.152 1520 0.12 0.01 29 9 2 15 0.01 5 0.01 1.4 50 0.01
KL18-10 828 831 0.22 2200 0.18 1.8 77 26 45 27 0.01 4 7.5 1.8 61 0.14
KL18-10 831 834 0.145 1450 0.1 2.1 107 131 46 18 0.01 3 10.6 1.9 36 0.2
KL18-10 834 837 0.175 1750 0.13 0.8 46 15 9 16 0.01 6 0.7 2.0 60 0.01
KL18-10 837 840 0.137 1370 0.13 0.6 33 7 2 12 0.01 8 0.01 2.2 75 0.01
KL18-10 840 843 0.182 1820 0.18 0.7 35 9 2 17 0.01 7 0.01 2.9 60 0.01
KL18-10 843 846 0.143 1430 0.13 3 55 47 28 29 0.01 5 8.8 1.7 65 0.49
KL18-10 846 849 0.136 1360 0.1 0.6 38 12 7 31 0.01 8 0.8 2.3 167 0.01
KL18-10 849 852 0.138 1380 0.08 0.01 33 10 12 13 0.01 6 1 1.9 67 0.01
KL18-10 852 855 0.149 1490 0.09 3.6 45 18 25 10 1 9 11.5 2.3 63 0.01
KL18-10 855 858 0.153 1530 0.12 18.8 70 110 75 14 5 5 42 1.5 46 1.57
KL18-10 858 859.9 0.254 2540 0.27 1.8 32 9 3 12 0.01 14 0.5 2.1 50 0.01
KL18-10 859.9 861.8 0.101 1010 0.01 0.01 41 7 2 7 0.01 20 0.01 1.4 16 0.01
KL18-10 861.8 864.5 0.046 460 0.01 0.01 31 7 2 7 0.01 19 0.01 0.9 18 0.01
KL18-10 864.5 867 0.068 680 0.02 0.01 19 8 1 7 0.01 16 0.01 1.5 20 0.01
KL18-10 867 870 0.079 790 0.01 0.01 24 14 2 14 0.01 15 0.01 1.5 75 0.01
KL18-10 870 872 0.064 640 0.01 0.01 29 20 2 6 0.01 13 0.7 0.9 73 0.01
KL18-10 872 874 0.037 370 0.01 0.01 35 8 0.01 3 0.01 13 0.01 0.5 78 0.01
KL18-10 874 876 0.056 560 0.01 0.01 45 11 1 8 0.01 13 0.2 1.0 47 0.01
KL18-10 876 879 0.0214 214 0.01 0.01 30 8 0.01 12 0.01 9 0.01 0.0 73 0.01
KL18-10 879 882 0.0388 388 0.02 0.01 31 11 0.01 2 0.01 10 0.01 0.0 74 0.01
KL18-10 882 885 0.075 750 0.02 0.01 33 11 0.01 2 0.01 18 0.01 0.8 97 0.01
KL20-01 0 4.4 0.0375 375 0.09 0.9 73 39 10 9 0.01 0.01 0.6 2.4 21 0.01
KL20-01 4.4 7.4 0.0053 53 0.01 0.01 172 188 3 8 0.01 0.01 0.01 1.7 20 0.01
KL20-01 7.4 10.4 0.0211 211 0.01 0.01 72 120 1 8 0.01 0.01 0.2 2.9 21 0.01
KL20-01 10.4 13.4 0.0084 84 0.01 0.6 139 195 3 8 0.01 0.01 0.6 1.9 29 0.01
KL20-01 13.4 16.4 0.0065 65 0.01 0.01 81 129 1 6 0.01 0.01 0.2 0.9 22 0.01
KL20-01 16.4 19.4 0.0049 49 0.01 0.01 93 313 2 7 0.01 0.01 0.6 1.7 23 0.01
KL20-01 19.4 22.4 0.0022 22 0.03 1 338 470 9 6 0.01 0.01 0.5 2.1 25 0.01
KL20-01 22.4 25.4 0.0028 28 0.01 1.1 190 920 3 7 0.01 0.01 0.8 1.9 31 0.01
KL20-01 25.4 28.4 0.0023 23 0.01 1.2 800 980 2 7 0.01 0.01 1.2 3.5 26 0.01
KL20-01 28.4 31.4 0.002 20 0.01 0.01 234 338 2 0.01 0.01 0.01 0.5 0.6 27 0.01
KL20-01 31.4 34.4 0.0023 23 0.04 2.4 407 960 4 5 0.01 0.01 0.8 3.3 41 0.01
KL20-01 34.4 37.4 0.0019 19 0.01 1.6 354 670 2 0.01 0.01 0.01 0.3 1.8 29 0.01
KL20-01 37.4 40.4 0.0026 26 0.01 1.5 401 540 4 7 0.01 0.01 0.6 5.9 24 0.01
KL20-01 40.4 43.4 0.002 20 0.01 1.9 154 171 6 16 0.01 0.01 0.4 2.0 18 0.01
KL20-01 43.4 46.4 0.0026 26 0.01 1.5 178 147 5 29 0.01 0.01 0.3 1.9 20 0.01



Appendix V - 43 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-01 46.4 49.4 0.0021 21 0.01 0.01 342 132 3 13 0.01 0.01 0.01 1.2 12 0.01
KL20-01 49.4 52.4 0.0033 33 0.01 2.3 530 460 7 13 0.01 0.01 0.7 4.3 17 0.01
KL20-01 52.4 55.4 0.0019 19 0.01 1 96 194 2 4 0.01 0.01 0.01 1.0 14 0.01
KL20-01 55.4 58.4 0.0034 34 0.01 0.9 109 130 2 4 0.01 0.01 0.01 1.0 13 0.01
KL20-01 58.4 61.4 0.0022 22 0.01 2.9 580 295 5 7 0.01 0.01 0.3 2.3 17 0.01
KL20-01 61.4 64.4 0.0046 46 0.01 5.6 670 890 26 9 0.01 0.01 1.3 5.9 23 0.01
KL20-01 64.4 67.4 0.0083 83 0.02 8.3 1160 2400 29 24 0.01 0.01 3.3 13.8 24 0.01
KL20-01 67.4 70.4 0.0356 356 0.13 155 22100 26200 32 15 0.01 0.01 44 44.0 21 0.01
KL20-01 70.4 73.4 0.0038 38 0.01 6.7 1070 2100 7 10 7 0.01 1.6 10.0 17 0.01
KL20-01 73.4 76.4 0.0032 32 0.01 4.2 720 1760 12 7 2 0.01 1.1 11.5 17 0.01
KL20-01 76.4 79.4 0.0026 26 0.01 2.4 450 820 16 7 0.01 0.01 1 3.2 19 0.01
KL20-01 79.4 82.4 0.0063 63 0.01 5 2200 2325 12 11 2 0.01 4.5 9.4 19 0.01
KL20-01 82.4 85.4 0.0124 124 0.01 7.1 3920 3375 23 13 2 0.01 10 9.8 15 0.01
KL20-01 85.4 88.4 0.0073 73 0.04 4.5 540 510 83 13 2 2 1.3 7.8 26 0.51
KL20-01 88.4 91.4 0.0225 225 0.02 3.1 720 860 12 10 2 2 0.8 6.6 18 0.01
KL20-01 91.4 94.4 0.0132 132 0.02 30.7 3600 7200 21 21 62 0.01 5.1 49.0 18 0.01
KL20-01 94.4 96.6 0.0233 233 0.07 26 3600 2575 360 196 42 5 5.8 29.3 45 0.01
KL20-01 96.6 100.4 0.0101 101 0.04 4.2 1010 1680 19 11 6 0.01 0.7 10.0 15 0.01
KL20-01 100.4 103.4 0.0272 272 0.02 3.8 2600 1470 37 18 4 0.01 2.7 7.6 16 0.01
KL20-01 103.4 106.4 0.0133 133 0.03 4.8 3200 3825 41 13 3 0.01 8.5 7.5 14 0.15
KL20-01 106.4 109.4 0.0139 139 0.01 8.3 3700 2200 22 13 15 0.01 2.2 7.5 14 0.1
KL20-01 109.4 112.4 0.0147 147 0.04 8.2 5400 6500 27 10 6 0.01 5.5 33.0 18 0.1
KL20-01 112.4 115.4 0.67 6700 0.48 360 26000 103000 210 13 1180 6 14.4 627.0 42 0.01
KL20-01 115.4 116.9 0.0371 371 0.21 37 6900 15300 140 20 77 3 13.3 72.5 23 0.01
KL20-01 116.9 119.9 0.093 930 0.2 61 8300 28700 46 29 150 0.01 5.8 63.8 15 0.01
KL20-01 119.9 122.9 0.0231 231 0.12 7 6700 4530 43 13 7 0.01 6.3 8.8 17 0.01
KL20-01 122.9 124.8 0.425 4250 0.68 153 278000 150400 99 27 204 7 100 420.0 64 0.01
KL20-01 124.8 127.4 0.0306 306 0.09 43 7600 7000 11 243 170 4 1.5 58.0 42 0.01
KL20-01 127.4 130.4 0.0234 234 0.02 2.3 3300 880 27 119 10 5 0.3 10.7 33 0.01
KL20-01 130.4 133.4 0.0133 133 0.02 0.8 610 330 11 392 3 2 0.4 5.6 21 0.01
KL20-01 133.4 136.4 0.051 510 0.27 1 2100 111 9 4 2 3 0.01 3.2 18 0.01
KL20-01 136.4 139.4 0.0184 184 0.02 1.1 630 379 14 12 4 3 0.2 2.2 18 0.01
KL20-01 139.4 142.4 0.073 730 0.24 2.3 4900 322 11 12 6 5 0.4 6.1 22 0.01
KL20-01 142.4 145.4 0.049 490 0.08 0.9 2600 194 11 20 5 4 0.01 3.8 41 0.01
KL20-01 145.4 148.4 0.05 500 0.1 0.6 4000 147 19 27 4 4 1 4.8 29 0.01
KL20-01 148.4 151.4 1.04 10400 0.23 13.6 50200 29300 7 26 85 11 6.5 14.0 35 0.01
KL20-01 151.4 154.4 0.096 960 0.08 0.9 4300 321 6 438 2 13 0.01 5.1 30 0.01
KL20-01 154.4 157.4 0.184 1840 0.38 1.1 61700 97 22 49 0.01 108 0.01 34.8 30 0.01
KL20-01 157.4 160.4 0.22 2200 0.53 0.9 105000 85 20 10 1 262 0.5 38.0 26 0.01
KL20-01 160.4 163.4 0.38 3800 0.09 0.8 9300 67 5 21 0.01 44 0.01 8.5 17 0.01
KL20-01 163.4 166.4 0.71 7100 1.01 1.5 6700 52 36 64 1 58 0.01 10.6 34 0.01
KL20-01 166.4 169.4 0.66 6600 0.91 1.2 29300 32 31 51 2 54 5.3 24.0 18 0.01
KL20-01 169.4 172.4 1.46 14600 1.43 1.9 2400 16 22 260 1 39 0.01 14.0 18 0.01
KL20-01 172.4 175.4 0.68 6800 0.85 2.6 174 54 5 525 19 8 0.3 10.2 17 0.01
KL20-01 175.4 178.4 0.088 880 0.27 0.01 72 19 4 398 2 6 0.2 3.9 18 0.01
KL20-01 178.4 181.4 0.086 860 0.47 0.01 53 14 6 2030 0.01 4 0.01 4.6 24 0.01
KL20-01 181.4 184.4 0.0372 372 0.06 0.01 123 16 3 36 0.01 5 0.01 1.1 9 0.01
KL20-01 184.4 187.4 0.19 1900 0.11 0.5 193 17 9 52 0.01 7 0.2 3.9 0 0.01
KL20-01 187.4 190.4 1.16 11600 1.46 6.7 560 6 17 8 18 27 0.01 5.5 38 0.01
KL20-01 190.4 193.9 0.76 7600 0.4 4.8 1280 28 11 6 10 47 1.1 3.6 18 0.01
KL20-01 193.9 197.2 0.118 1180 0.08 1.3 540 0.01 3 3 3 11 0.01 0.0 14 0.01
KL20-01 197.2 200.3 1.83 18300 0.98 18.1 1650 40 12 3 38 106 1.2 9.0 20 0.01
KL20-01 200.3 203.9 0.08 800 0.04 0.6 264 23 6 25 2 10 0.01 0.0 14 0.01
KL20-01 203.9 206.9 0.142 1420 0.04 0.7 318 0.01 8 4 1 4 0.01 0.0 12 0.01
KL20-01 206.9 209.9 0.041 410 0.01 0.8 420 6 4 4 0.01 3 0.01 0.0 13 0.01
KL20-01 209.9 211.2 0.076 760 0.08 0.01 216 0.01 13 5 0.01 10 0.01 0.0 12 0.01
KL20-01 211.2 214.4 2.06 20600 0.92 7.2 1940 22 45 5 7 135 0.8 25.5 14 0.01
KL20-01 214.4 217.4 3.04 30400 1.04 9.5 286 10 46 7 10 38 1.6 13.0 18 0.01
KL20-01 217.4 220.4 0.0252 252 0.01 0.01 253 0.01 30 2 0.01 2 0.01 0.0 12 0.01
KL20-01 220.4 223.4 0.177 1770 0.07 1.1 304 0.01 30 2 0.01 5 0.4 0.0 15 0.01
KL20-01 223.4 226.4 0.045 450 0.01 0.01 270 0.01 36 2 0.01 0.01 0.01 0.0 12 0.01
KL20-01 226.4 228.6 0.179 1790 0.05 1.3 262 0.01 45 3 1 3 0.01 0.0 9 0.01
KL20-01 228.6 231.9 0.059 590 0.05 0.5 460 0.01 11 2 1 5 0.01 0.0 10 0.01



Appendix V - 44 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-01 231.9 234.9 1.63 16300 4.67 7.2 319 14 9 0.01 12 20 0.01 13.5 40 0.01
KL20-01 234.9 237.3 1.95 19500 4.23 6 187 10 27 7 10 24 0.9 17.0 20 0.01
KL20-01 237.3 241 2.06 20600 5.41 5.7 105 12 8 6 11 21 0.2 17.5 34 0.01
KL20-01 241 244.4 1.01 10100 1.1 1.3 163 6 1 21 1 48 0.7 6.5 30 0.01
KL20-01 244.4 247.4 1.67 16700 1.79 2.1 193 0.01 8 124 1 55 0.2 6.0 40 0.01
KL20-01 247.4 250.4 3.5 35000 5.67 6.4 136 10 2 6 7 31 13 25.2 37 0.01
KL20-01 250.4 253.4 0.473 4730 0.43 1.2 73 11 3 4 1 13 0.4 4.5 24 0.01
KL20-01 253.4 256.4 0.54 5400 0.49 0.9 113 8 11 26 0.01 18 0.9 6.0 27 0.01
KL20-01 256.4 259.4 1.26 12600 0.73 1.8 86 8 13 17 1 30 0.4 18.2 41 0.01
KL20-01 259.4 262.4 1.9 19000 1.63 2 157 6 2 5 2 56 0.01 9.0 49 0.01
KL20-01 262.4 266.4 1.34 13400 1.53 1.7 98 8 6 34 2 33 0.01 5.5 88 0.01
KL20-01 266.4 268.4 0.71 7100 0.72 1.2 46 9 4 270 3 14 0.01 3.6 73 0.01
KL20-01 268.4 271.4 0.91 9100 1.4 1.3 62 9 4 51 2 16 0.2 4.2 86 0.01
KL20-01 271.4 274.4 1.02 10200 0.8 1.6 95 12 3 42 1 25 0.5 6.0 78 0.01
KL20-01 274.4 277.4 1.17 11700 1.55 1.6 58 7 19 33 1 19 0.2 8.5 85 0.01
KL20-01 277.4 280.4 0.94 9400 1.02 1.2 47 8 4 110 0.01 20 0.01 6.5 107 0.01
KL20-01 280.4 283.4 0.96 9600 0.46 1.6 67 27 13 139 1 14 0.01 4.0 50 0.01
KL20-01 283.4 286.4 0.85 8500 0.65 1.6 63 12 7 115 1 24 0.01 5.0 71 0.01
KL20-01 286.4 289.4 0.79 7900 0.62 1.4 58 10 4 151 1 19 1.2 4.2 101 0.01
KL20-01 289.4 292.4 0.79 7900 0.76 1.4 50 8 1 82 1 17 0.01 4.1 102 0.01
KL20-01 292.4 295.4 1.11 11100 1.57 2.9 61 25 4 30 3 13 0.9 9.5 68 0.01
KL20-01 295.4 298.4 1.1 11000 0.67 4.2 430 154 43 128 2 26 2.5 12.0 55 0.01
KL20-01 298.4 301.4 1.05 10500 1 2.2 78 21 4 84 2 18 0.01 7.5 81 0.01
KL20-01 301.4 304.4 0.88 8800 0.85 1.6 70 20 0.01 91 1 18 0.01 4.8 94 0.01
KL20-01 304.4 307.4 0.84 8400 0.81 1.2 65 11 0.01 20 1 16 0.2 4.2 75 0.01
KL20-01 307.4 310.4 0.85 8500 1.11 1.6 66 11 0.01 77 1 17 0.01 4.8 106 0.01
KL20-01 310.4 313.4 0.57 5700 0.54 0.9 57 6 0.01 53 0.01 17 0.2 4.8 97 0.01
KL20-01 313.4 316.4 0.62 6200 0.53 1.1 66 10 2 75 0.01 13 0.3 3.8 90 0.01
KL20-01 316.4 319.4 0.502 5020 0.45 0.8 60 6 0.01 54 0.01 12 0.01 4.4 85 0.01
KL20-01 319.4 322.4 0.62 6200 0.52 0.9 68 6 0.01 46 0.01 15 0.01 1.8 73 0.01
KL20-01 322.4 325.4 0.401 4010 0.45 0.5 50 8 0.01 19 0.01 9 0.4 3.5 92 0.01
KL20-01 325.4 328.4 0.324 3240 0.38 0.01 47 12 1 52 0.01 9 0.7 2.4 104 0.01
KL20-01 328.4 331.4 0.6 6000 0.42 0.7 61 8 0.01 25 0.01 13 0.4 3.4 98 0.01
KL20-01 331.4 334.4 0.97 9700 0.92 1.7 74 12 33 60 1 17 2.1 5.0 67 0.01
KL20-01 334.4 337.4 0.98 9800 0.69 0.9 82 29 160 124 1 18 2.5 3.0 68 0.01
KL20-01 337.4 340.4 0.885 8850 0.7 1.8 78 12 3 82 1 20 0.7 5.6 92 0.01
KL20-01 340.4 343.4 1.27 12700 0.5 3.2 111 27 6 138 1 18 2.1 4.3 62 0.01
KL20-01 343.4 346.4 1.56 15600 1.22 3.5 139 20 2 253 1 24 0.5 6.0 90 0.01
KL20-01 346.4 349.1 0.557 5570 0.48 1.1 90 17 5 52 1 20 0.2 5.6 65 0.01
KL20-01 349.1 352.3 1.06 10600 0.8 2 108 24 2 23 1 31 0.3 9.5 61 0.01
KL20-01 352.3 355.4 0.475 4750 0.41 0.8 80 20 4 64 0.01 11 0.01 4.8 46 0.01
KL20-01 355.4 358.4 0.83 8300 1.08 1.4 102 17 4 289 0.01 23 0.01 7.0 66 0.01
KL20-01 358.4 359.9 1.28 12800 2.43 2.5 118 15 1 301 0.01 22 0.01 5.5 58 0.01
KL20-01 359.9 362.9 0.63 6300 0.51 1.5 52 22 12 37 0.01 8 0.3 4.2 64 0.01
KL20-01 362.9 365.9 0.78 7800 1.25 1.4 34 17 3 16 2 6 0.01 4.0 70 0.01
KL20-01 365.9 368.9 0.72 7200 0.52 1.9 93 38 28 32 1 5 1.1 4.2 49 0.01
KL20-01 368.9 371.9 0.6 6000 0.55 1.3 72 28 56 20 2 6 1.1 4.4 57 0.01
KL20-01 371.9 374.9 0.518 5180 0.39 7 2140 2300 490 6 3 4 64 5.0 180 0.35
KL20-01 374.9 377.9 0.98 9800 1.4 2.3 45 19 7 9 3 6 1.6 5.5 186 0.01
KL20-01 377.9 380.9 0.68 6800 0.68 1.4 54 8 3 16 1 10 0.3 3.2 87 0.01
KL20-01 380.9 383.9 0.58 5800 1.1 1.4 41 11 8 22 2 8 0.5 3.8 164 0.01
KL20-01 383.9 386.9 0.77 7700 1.66 3.1 177 580 16 13 3 5 5.2 5.0 73 0.01
KL20-01 386.9 389.9 0.68 6800 0.9 1.2 23 13 2 24 1 5 0.4 3.6 197 0.01
KL20-01 389.9 392.9 0.675 6750 1.22 1.4 30 14 0.01 14 1 4 1.5 4.4 81 0.01
KL20-01 392.9 395.9 0.85 8500 0.84 4.8 930 297 140 14 3 4 48 7.0 100 0.01
KL20-01 395.9 398.9 0.448 4480 1.16 0.8 54 29 4 8 2 3 2.4 4.4 157 0.01
KL20-01 398.9 401.9 0.72 7200 1.36 1.4 57 25 9 16 1 5 1.8 4.4 161 0.01
KL20-01 401.9 404.9 0.56 5600 0.45 5 640 269 25 36 2 6 9.2 3.5 123 0.01
KL20-01 404.9 407.9 1.46 14600 0.21 23.9 880 750 750 12 12 5 355 4.3 100 0.01
KL20-01 407.9 410.9 0.59 5900 0.31 2.7 245 285 320 13 2 6 9.9 5.0 127 0.01
KL20-01 410.9 413.9 0.89 8900 0.87 3.5 79 64 24 19 2 5 3.4 6.0 143 0.01
KL20-01 413.9 416.6 0.56 5600 0.57 2.7 108 66 18 22 1 6 3.9 2.8 157 0.01
KL20-02 0 2 0.0066 66 0.05 2.4 257 151 13 13 0.01 0.01 1.1 3.2 28 0.01



Appendix V - 45 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-02 2 4 0.0045 45 0.1 0.9 82 69 23 4 0.01 0.01 0.9 1.3 32 0.01
KL20-02 4 7 0.0031 31 0.01 1 95 150 4 3 0.01 0.01 0.5 0.6 29 0.01
KL20-02 7 10 0.0038 38 0.01 0.01 33 55 1 3 0.01 0.01 0.3 4.1 29 0.01
KL20-02 10 13 0.003 30 0.02 0.01 103 130 3 4 0.01 0.01 0.5 2.5 35 0.01
KL20-02 13 16 0.0022 22 0.02 0.8 383 265 9 4 0.01 0.01 0.6 1.2 29 0.01
KL20-02 16 19 0.003 30 0.01 0.6 101 277 2 2 0.01 0.01 0.4 1.5 29 0.01
KL20-02 19 22 0.0025 25 0.01 0.8 99 410 4 2 0.01 0.01 0.7 2.8 33 0.01
KL20-02 22 25 0.0045 45 0.01 0.5 97 97 4 3 0.01 0.01 0.3 1.3 30 0.01
KL20-02 25 28 0.0024 24 0.01 1.8 530 660 5 3 0.01 0.01 0.9 1.6 29 0.01
KL20-02 28 31 0.002 20 0.01 2.1 187 221 6 4 0.01 0.01 0.5 2.0 34 0.01
KL20-02 31 34 0.0034 34 0.01 1.7 229 348 3 4 0.01 0.01 0.6 2.1 32 0.01
KL20-02 34 36.8 0.0063 63 0.1 5.1 1040 630 15 18 0.01 0.01 1 4.9 32 0.01
KL20-02 36.8 38.5 0.0042 42 0.01 3.6 1310 820 9 8 0.01 0.01 1.4 3.2 18 0.01
KL20-02 38.5 40 0.0036 36 0.01 0.5 159 101 6 6 0.01 0.01 0.01 0.9 19 0.01
KL20-02 40 42.6 0.0027 27 0.01 1.1 420 221 7 9 0.01 0.01 0.2 1.2 15 0.01
KL20-02 42.6 45.9 0.0014 14 0.01 0.8 248 139 5 5 0.01 0.01 0.01 1.0 17 0.01
KL20-02 45.9 48.7 0.0014 14 0.01 1.5 123 94 5 7 0.01 0.01 0.01 0.9 19 0.01
KL20-02 48.7 51 0.0023 23 0.01 1.5 173 148 6 2 0.01 0.01 0.01 1.0 15 0.01
KL20-02 51 54 0.0024 24 0.02 12.1 3800 2660 10 8 0.01 0.01 1.2 18.5 21 0.01
KL20-02 54 57 0.0022 22 0.01 1.7 580 520 10 4 0.01 0.01 0.8 1.9 19 0.01
KL20-02 57 59.5 0.0047 47 0.08 24.8 1590 2740 28 6 0.01 0.01 2.3 31.7 18 0.01
KL20-02 59.5 62.5 0.0025 25 0.01 8.5 730 1240 8 7 0.01 0.01 1.5 4.9 17 0.01
KL20-02 62.5 65.5 0.0106 106 0.01 36.8 28700 28900 29 7 0.01 0.01 47 27.8 22 0.01
KL20-02 65.5 67 0.0217 217 0.01 2.7 700 1340 5 5 0.01 0.01 1.7 8.8 17 0.01
KL20-02 67 70 0.0343 343 0.03 35.1 10600 26200 13 5 6 0.01 33 57.5 25 0.01
KL20-02 70 73 0.0238 238 0.01 1.2 550 840 3 4 0.01 0.01 1.4 2.3 22 0.01
KL20-02 73 76 0.0142 142 0.01 1.6 520 1190 6 6 0.01 0.01 1.6 4.8 19 0.01
KL20-02 76 79 0.0184 184 0.01 12.4 2300 2320 9 8 0.01 0.01 4 5.7 22 0.01
KL20-02 79 82 0.057 570 0.22 164 7200 6100 26 6 0.01 0.01 24 19.5 21 0.01
KL20-02 82 84.8 0.0141 141 0.01 3.6 265 362 8 7 3 0.01 1.1 3.2 19 0.01
KL20-02 84.8 87.3 0.0072 72 0.04 3.9 440 540 8 9 0.01 0.01 1.3 3.6 25 0.01
KL20-02 87.3 88.5 0.0084 84 0.01 1.4 640 690 8 15 1 0.01 0.5 3.6 22 0.01
KL20-02 88.5 91.6 0.0304 304 0.05 2.2 640 335 20 9 2 0.01 1.3 2.1 31 0.01
KL20-02 91.6 94.8 0.0029 29 0.02 0.9 470 450 11 5 0.01 0.01 0.7 2.5 22 0.01
KL20-02 94.8 96.2 0.0123 123 0.01 3.1 4200 970 35 3 3 0.01 1.1 3.6 22 0.01
KL20-02 96.2 98.5 0.021 210 0.08 12.6 7100 17200 19 47 3 0.01 6 80.0 24 0.01
KL20-02 98.5 101.6 0.0263 263 0.03 8.2 5300 5800 38 61 1 0.01 4.8 15.3 26 0.01
KL20-02 101.6 105.7 0.0244 244 0.02 7.6 2500 4300 31 38 4 0.01 4.2 12.4 30 0.01
KL20-02 105.7 110.4 0.071 710 0.1 54.3 40600 59200 71 21 13 0.01 58 33.9 52 0.01
KL20-02 110.4 113 0.0256 256 0.17 11 14100 13700 290 23 4 0.01 13.7 12.7 25 0.01
KL20-02 113 114.5 0.18 1800 0.16 60.5 42500 38300 49 12 1 0.01 60 73.8 16 0.01
KL20-02 114.5 116.9 0.85 8500 0.45 92.9 71300 85200 120 127 64 2 63 256.0 141 0.01
KL20-02 116.9 119.5 0.0178 178 0.09 1.6 720 810 7 210 1 0.01 1.4 4.4 157 0.01
KL20-02 119.5 121 0.0072 72 0.02 1.3 920 1160 7 230 2 0.01 0.8 5.1 31 0.01
KL20-02 121 122.5 0.0048 48 0.04 0.5 230 270 7 490 1 0.01 0.3 2.9 64 0.01
KL20-02 122.5 124 0.0027 27 0.04 0.01 134 150 3 206 0.01 0.01 0.4 1.1 98 0.01
KL20-02 124 125.5 0.0277 277 0.2 0.9 930 78 6 3 0.01 0.01 0.7 1.2 9 0.01
KL20-02 125.5 127.8 0.122 1220 1.16 3.7 8000 87 10 5 112 5 1.2 6.7 18 0.01
KL20-02 127.8 130 0.131 1310 0.11 1.1 7000 170 11 123 230 5 0.6 6.8 24 0.01
KL20-02 130 133 0.21 2100 1.21 3.2 18400 130 20 7 90 9 1.7 11.5 27 0.01
KL20-02 133 134.5 0.21 2100 0.23 1.6 5400 214 8 56 16 12 1.2 5.6 21 0.01
KL20-02 134.5 137.5 1.44 14400 2.44 9.8 61800 540 7 40 13 61 2.6 19.9 31 0.01
KL20-02 137.5 140.5 0.21 2100 0.25 0.8 2300 194 9 220 2 10 0.5 4.9 23 0.01
KL20-02 140.5 143.5 1.04 10400 1.38 1.2 23300 58 12 94 9 75 1.5 19.2 48 0.01
KL20-02 143.5 146.5 0.21 2100 0.32 0.6 510 13 6 380 1 18 0.8 3.1 23 0.01
KL20-02 146.5 149.5 0.45 4500 0.72 0.8 420 28 4 280 3 8 0.7 5.5 29 0.01
KL20-02 149.5 152.5 0.46 4600 0.43 1 2900 38 7 50 1 14 0.3 5.4 25 0.01
KL20-02 152.5 155.5 0.7 7000 1.06 0.7 470 12 21 49 3 14 0.5 8.2 16 0.01
KL20-02 155.5 158.5 0.56 5600 0.79 0.8 295 17 14 37 6 15 0.3 7.8 20 0.01
KL20-02 158.5 160 0.39 3900 0.9 0.7 183 10 17 162 2 9 0.4 6.0 18 0.01
KL20-02 160 163 0.57 5700 0.82 1 315 10 10 160 2 12 0.5 5.8 32 0.01
KL20-02 163 166 0.55 5500 0.24 1.4 99 20 22 158 2 3 0.01 10.3 33 0.01
KL20-02 166 167.5 0.205 2050 0.09 0.7 230 41 16 27 1 2 0.4 4.0 19 0.01



Appendix V - 46 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-02 167.5 171.5 3.38 33800 19.5 11.9 127000 30 16 11 113 87 0.01 71.9 31 0.01
KL20-02 171.5 173.5 0.57 5700 0.5 4.3 2200 13 8 10 10 26 0.3 10.7 19 0.01
KL20-02 173.5 177.2 0.51 5100 0.21 6.8 780 12 8 2 2 8 0.01 1.3 18 0.01
KL20-02 177.2 179.3 0.28 2800 0.22 2.4 630 17 8 5 1 0.01 0.3 3.0 16 0.01
KL20-02 179.3 182.5 0.45 4500 0.3 4.7 1170 12 7 3 5 12 0.01 3.8 18 0.01
KL20-02 182.5 185.4 1.54 15400 1.41 13.4 7700 15 10 0.01 8 47 0.2 10.8 21 0.01
KL20-02 185.4 187 0.165 1650 0.13 1.7 351 12 3 0.01 5 3 0.01 0.8 14 0.01
KL20-02 187 190 1.36 13600 0.56 8 610 14 6 3 24 70 1.5 5.8 35 0.01
KL20-02 190 193.4 1.16 11600 0.39 11 1000 15 5 0.01 22 68 1.7 3.0 31 0.01
KL20-02 193.4 195.5 0.058 580 0.07 0.01 301 10 4 9 1 4 1.6 1.0 12 0.01
KL20-02 195.5 197 0.0092 92 0.01 0.01 320 10 6 2 0.01 3 0.3 0.6 14 0.01
KL20-02 197 200.2 0.126 1260 0.12 1.2 1690 13 8 0.01 0.01 7 0.5 4.0 17 0.01
KL20-02 200.2 203.2 0.22 2200 0.15 2.8 3500 160 21 2 5 11 0.7 7.3 25 0.01
KL20-02 203.2 205.5 0.28 2800 0.07 3.6 250 18 19 2 3 3 0.3 1.8 20 0.01
KL20-02 205.5 209.5 2.98 29800 1.48 23.5 365 15 10 2 62 50 1.5 12.0 17 0.01
KL20-02 209.5 212.5 1.32 13200 1.35 2.6 119 36 83 27 4 38 0.4 18.8 22 0.01
KL20-02 212.5 214.4 1.39 13900 2.34 4.2 63 10 10 2 7 17 0.01 13.0 20 0.01
KL20-02 214.4 217 1.19 11900 1.22 2 61 10 0.01 0.01 2 17 0.01 18.9 12 0.01
KL20-02 217 220 0.81 8100 1.31 2.3 73 10 15 0.01 5 21 0.2 15.5 14 0.01
KL20-02 220 223 1.36 13600 0.78 2.5 850 288 6 6 0.01 40 0.2 19.0 19 0.01
KL20-02 223 226 0.36 3600 0.09 0.5 1300 73 7 9 0.01 12 0.01 37.1 31 0.01
KL20-02 226 229 0.55 5500 0.62 1.9 109 13 1 62 0.01 32 0.01 13.3 33 0.01
KL20-02 229 232 1.07 10700 0.94 1.6 90 45 5 15 20 32 0.5 11.5 32 0.01
KL20-02 232 235 2.38 23800 0.86 4 108 12 3 27 1 21 0.3 12.5 52 0.01
KL20-02 235 238 3.98 39800 7.32 8.4 78 12 1 31 6 34 0.3 23.8 73 0.01
KL20-02 238 240.6 1.99 19900 1.91 3.9 32 10 6 377 8 12 0.3 12.8 109 0.01
KL20-02 240.6 242.5 2.25 22500 2.31 8.7 32 12 1 82 9 19 0.3 20.0 65 0.01
KL20-02 242.5 245.5 2.17 21700 2.66 5.7 37 17 12 55 9 10 0.3 14.5 73 0.01
KL20-02 245.5 248.5 1.74 17400 1.29 5.2 55 67 60 197 5 6 2.6 9.3 126 0.01
KL20-02 248.5 251.5 1.48 14800 2.11 3.6 26 20 23 202 4 7 0.6 9.8 115 0.01
KL20-02 251.5 254.5 1.58 15800 2.57 3 32 17 20 334 2 12 0.01 8.5 94 0.01
KL20-02 254.5 257.5 1.22 12200 1.68 4.4 34 16 7 223 4 8 0.01 9.0 87 0.01
KL20-02 257.5 260.5 1.41 14100 2 3.1 39 12 5 63 2 12 0.01 8.4 99 0.01
KL20-02 260.5 263.5 1.09 10900 1.85 2 30 12 10 40 2 8 0.01 9.8 86 0.01
KL20-02 263.5 266.5 0.79 7900 1.19 2.3 36 12 23 21 1 11 0.01 9.0 95 0.01
KL20-02 266.5 269.5 1.36 13600 1.72 2.8 37 10 2 86 5 12 0.2 7.8 102 0.01
KL20-02 269.5 272.5 1.03 10300 1.85 2 49 15 11 61 2 8 0.8 9.9 88 0.01
KL20-02 272.5 275.5 1.09 10900 1.81 2.3 50 20 3 50 1 8 0.2 7.3 83 0.01
KL20-02 275.5 278.5 0.93 9300 1.44 2.3 29 12 6 17 1 7 0.01 6.8 101 0.01
KL20-02 278.5 281.5 1.28 12800 1.77 2.4 35 14 4 266 3 12 0.01 7.8 101 0.01
KL20-02 281.5 284.5 0.89 8900 1.3 1.3 39 10 4 52 2 8 0.2 5.8 115 0.01
KL20-02 284.5 287.5 0.94 9400 1.09 1.9 46 12 2 62 2 11 0.2 4.5 103 0.01
KL20-02 287.5 290.5 0.65 6500 0.66 2 41 19 8 118 2 7 0.7 4.8 99 0.01
KL20-02 290.5 293.5 0.52 5200 0.45 1.8 29 5 6 41 1 5 0.01 3.8 89 0.01
KL20-02 293.5 296.5 0.91 9100 0.97 2.4 47 7 2 73 1 13 0.01 3.8 91 0.01
KL20-02 296.5 299.5 1.07 10700 1.64 2.7 42 5 1 35 2 11 0.01 5.5 92 0.01
KL20-02 299.5 301 0.7 7000 0.96 2 47 8 2 99 1 9 0.01 3.5 92 0.01
KL20-02 301 304 0.87 8700 0.72 2.1 65 9 1 149 0.01 17 0.01 4.5 86 0.01
KL20-02 304 305.5 1.02 10200 1.1 2 63 8 2 59 1 17 0.2 4.3 85 0.01
KL20-02 305.5 308.5 0.95 9500 0.75 1.8 58 8 4 142 1 15 0.01 4.3 81 0.01
KL20-02 308.5 311.5 0.98 9800 0.58 3.7 128 32 150 217 1 13 3.7 4.5 66 0.01
KL20-02 311.5 313.4 1.08 10800 0.61 3.3 580 399 390 152 0.01 15 38 6.1 62 0.39
KL20-02 313.4 316 1.68 16800 1.15 2.7 70 17 10 56 1 19 0.7 4.8 83 0.01
KL20-02 316 318.5 1.19 11900 0.94 1.8 59 10 5 192 1 17 0.3 5.5 91 0.01
KL20-02 318.5 320.5 1.76 17600 1.99 3.4 64 6 4 174 1 16 0.5 7.0 86 0.01
KL20-02 320.5 323.5 1.38 13800 0.72 2.2 3200 1580 210 95 1 13 0.8 5.0 88 0.69
KL20-02 323.5 326.5 1.49 14900 0.77 2.4 185 44 26 108 2 14 0.5 4.8 56 0.01
KL20-02 326.5 329.5 1.42 14200 0.9 2.5 71 7 2 125 1 21 0.4 4.5 87 0.01
KL20-02 329.5 332 1.82 18200 0.79 2.7 79 19 50 56 2 15 3.1 6.0 74 0.01
KL20-02 332 333.6 1.48 14800 1.26 2.7 68 14 11 239 2 12 0.6 5.0 86 0.01
KL20-02 333.6 336.4 2.19 21900 1.35 3.1 88 9 3 138 0.01 18 0.5 4.5 107 0.01
KL20-02 336.4 338.5 1.61 16100 1.07 2.5 100 13 5 67 0.01 15 1 6.0 75 0.01
KL20-02 338.5 341.5 1.9 19000 1.26 1.8 137 16 21 78 0.01 17 2.5 8.8 70 0.01



Appendix V - 47 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-02 341.5 344.5 0.83 8300 0.39 0.5 15 8 57 15 1 3 0.8 4.3 167 0.01
KL20-02 344.5 347.5 0.85 8500 0.37 1.3 53 58 240 13 3 4 1.5 4.3 171 0.01
KL20-02 347.5 350.5 2.5 25000 1.94 2.3 161 25 78 41 3 14 8.9 9.2 73 0.01
KL20-02 350.5 353.5 0.69 6900 0.37 1.5 95 58 70 84 1 7 1.5 4.3 137 0.01
KL20-02 353.5 356.5 0.27 2700 0.3 0.5 28 14 37 10 0.01 2 0.6 2.5 156 0.01
KL20-02 356.5 359.5 0.75 7500 0.4 1.3 47 25 100 5 4 2 2.5 5.7 186 0.01
KL20-02 359.5 362.5 0.44 4400 0.55 0.5 24 8 5 5 1 3 0.2 4.3 182 0.01
KL20-02 362.5 365.5 0.52 5200 0.37 1 46 23 4 25 1 7 0.01 3.5 143 0.01
KL20-02 365.5 367 0.57 5700 0.81 1 35 10 8 12 1 5 0.4 4.6 137 0.01
KL20-02 367 370 1.08 10800 1.69 2.4 20 10 1 18 4 5 0.2 5.3 166 0.01
KL20-02 370 373 0.96 9600 0.87 2.5 26 16 4 32 2 8 0.2 3.3 192 0.01
KL20-02 373 375.5 0.71 7100 0.47 2 34 12 64 28 3 4 0.9 3.3 208 0.01
KL20-02 375.5 377.5 0.58 5800 0.34 1 31 8 26 21 1 5 0.4 3.5 166 0.01
KL20-03 0 4 0.0113 113 0.01 1.7 540 356 9 5 0.01 3 2.3 2.3 21 0.01
KL20-03 4 7 0.0042 42 0.01 0.6 73 82 0.01 3 0.01 0.01 0.2 0.6 18 0.01
KL20-03 7 10 0.0082 82 0.01 0.7 90 77 1 2 0.01 2 0.3 1.4 23 0.01
KL20-03 10 13 0.007 70 0.03 1.5 247 322 11 0.01 0.01 0.01 0.9 2.3 27 0.01
KL20-03 13 16 0.0017 17 0.01 0.6 105 140 1 0.01 0.01 0.01 0.4 2.2 27 0.01
KL20-03 16 19 0.0085 85 0.01 0.7 271 114 1 3 0.01 0.01 0.3 1.8 31 0.01
KL20-03 19 21.5 0.0017 17 0.01 0.8 299 195 2 2 0.01 2 0.6 2.6 31 0.01
KL20-03 21.5 23.5 0.0075 75 0.01 1.1 138 87 1 0.01 0.01 0.01 0.6 0.9 31 0.01
KL20-03 23.5 27.5 0.0076 76 0.01 0.9 180 147 2 10 0.01 2 0.7 1.0 32 0.01
KL20-03 27.5 30.5 0.0027 27 0.01 1.8 370 367 4 4 0.01 0.01 0.7 2.9 30 0.01
KL20-03 30.5 33.4 0.0029 29 0.01 0.9 142 389 1 3 0.01 0.01 0.3 3.0 26 0.01
KL20-03 33.4 37 0.0015 15 0.01 1.5 240 206 3 6 0.01 0.01 0.4 3.0 20 0.01
KL20-03 37 40 0.0011 11 0.01 1.2 300 203 3 4 0.01 0.01 0.5 1.6 12 0.01
KL20-03 40 43 0.003 30 0.01 1.8 197 154 3 3 0.01 0.01 0.5 0.6 8 0.01
KL20-03 43 46 0.0014 14 0.01 1.4 204 160 4 5 0.01 0.01 0.4 1.5 15 0.01
KL20-03 46 49 0.0087 87 0.02 29.1 213 21 13 2 0.01 0.01 1 4.2 12 0.01
KL20-03 49 52 0.0057 57 0.03 14.8 490 198 7 2 0.01 2 0.9 6.2 13 0.01
KL20-03 52 55 0.0244 244 0.11 8.3 4590 1250 12 2 0.01 3 3.5 18.9 10 0.01
KL20-03 55 58 0.0085 85 0.04 3.4 640 228 7 7 0.01 0.01 0.8 3.8 17 0.01
KL20-03 58 61 0.0238 238 0.06 38.4 13300 17700 17 7 0.01 2 36 23.8 14 0.01
KL20-03 61 64 0.0279 279 0.01 22.5 3650 5600 36 8 0.01 0.01 8.2 20.5 20 0.01
KL20-03 64 67 0.019 190 0.01 17.6 1780 4950 18 14 0.01 0.01 7.3 12.3 20 0.01
KL20-03 67 70 0.0134 134 0.01 10 1780 3950 8 5 0.01 0.01 6.2 3.3 13 0.01
KL20-03 70 72.6 0.0082 82 0.01 7.5 2820 3380 4 3 0.01 0.01 3.5 4.3 13 0.01
KL20-03 72.6 74.1 0.011 110 0.01 5.5 410 3470 1 3 0.01 0.01 3.8 4.3 7 0.01
KL20-03 74.1 76 0.0231 231 0.01 10.3 5400 7500 6 6 0.01 2 9.8 5.8 22 0.01
KL20-03 76 79 0.0061 61 0.01 13.5 1680 1130 3 8 0.01 0.01 2.7 12.0 21 0.01
KL20-03 79 82 0.0245 245 0.02 5.9 241 740 13 11 0.01 0.01 1.6 4.7 14 0.01
KL20-03 82 85 0.0153 153 0.01 1.4 232 370 19 3 0.01 0.01 0.9 1.8 12 0.01
KL20-03 85 88 0.0204 204 0.01 6.8 1050 910 7 8 8 0.01 1.5 4.5 19 0.01
KL20-03 88 91 0.0177 177 0.01 2.8 960 1560 11 18 3 0.01 1.1 7.0 27 0.01
KL20-03 91 94 0.051 510 0.06 32.7 12000 9000 85 83 38 0.01 7.6 32.5 30 0.1
KL20-03 94 97 0.0203 203 0.04 11.5 4080 6300 8 10 0.01 0.01 8.3 5.3 22 0.01
KL20-03 97 100 0.0134 134 0.01 10.3 3260 8200 15 4 0.01 0.01 9.4 7.5 9 0.01
KL20-03 100 103 0.0079 79 0.03 18.8 2050 2790 7 16 0.01 2 7.3 8.0 13 0.01
KL20-03 103 105.5 0.0367 367 0.11 53.4 6800 8300 16 24 34 3 20.5 96.3 35 0.01
KL20-03 105.5 108.7 0.0102 102 0.01 7.5 3800 5450 9 6 1 0.01 5.6 6.3 20 0.01
KL20-03 108.7 111.8 0.0309 309 0.08 3.5 2100 2480 18 5 6 0.01 1.4 16.1 11 0.01
KL20-03 111.8 114.9 0.164 1640 0.54 43.2 20000 14700 34 15 128 6 2 114.0 12 0.01
KL20-03 114.9 118 0.31 3100 1.67 60.3 25000 4500 48 215 81 9 25.5 91.2 75 0.01
KL20-03 118 121 0.33 3300 1.52 2.7 430 320 23 276 4 7 1 11.3 46 0.01
KL20-03 121 124 0.32 3200 0.48 3.1 3100 203 35 206 10 9 1.1 7.0 41 0.13
KL20-03 124 127 0.74 7400 3.05 1.8 3870 53 18 17 80 16 0.7 16.3 24 0.01
KL20-03 127 129.5 0.61 6100 1.24 3.8 10200 33 4 118 324 8 0.3 20.2 6 0.01
KL20-03 129.5 132.5 0.625 6250 2.11 2.4 3000 49 5 218 322 10 0.01 17.3 70 0.01
KL20-03 132.5 134.5 0.159 1590 0.36 0.9 630 24 3 134 42 5 0.2 8.0 7 0.01
KL20-03 134.5 137.5 0.491 4910 0.79 1.5 460 29 4 283 12 9 0.01 6.7 0 0.01
KL20-03 137.5 140.5 0.84 8400 1.47 1.9 500 19 9 258 2 13 0.01 9.2 31 0.01
KL20-03 140.5 143.5 0.101 1010 0.35 0.7 129 11 15 104 2 6 0.01 2.5 10 0.01
KL20-03 143.5 146.5 0.67 6700 0.84 2.2 313 15 12 290 3 8 0.4 5.1 0 0.01



Appendix V - 48 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-03 146.5 157 0.195 1950 0.82 1.2 177 33 22 242 2 7 0.3 4.8 27 0.01
KL20-03 157 163.9 0.336 3360 2.23 2.5 135 33 76 1170 0.01 9 2.8 13.0 31 0.01
KL20-03 163.9 166 0.292 2920 0.61 1 252 20 32 138 1 15 1.7 14.0 30 0.01
KL20-03 166 169 0.461 4610 0.67 1.9 373 23 28 62 0.01 14 0.3 8.5 42 0.01
KL20-03 169 172 0.458 4580 0.84 1.5 1390 28 39 365 7 21 0.5 11.5 29 0.01
KL20-03 172 175.5 1.02 10200 1.28 6 780 26 7 12 7 40 0.01 10.0 16 0.01
KL20-03 175.5 178 0.105 1050 0.06 1 2990 11 5 3 0.01 5 0.2 3.0 25 0.01
KL20-03 178 181 0.07 700 0.04 1.2 600 10 4 43 1 4 0.01 1.0 20 0.01
KL20-03 181 184 0.0394 394 0.04 0.9 450 50 2 0.01 0.01 3 0.01 0.0 10 0.01
KL20-03 184 187 0.053 530 0.03 0.01 324 8 3 0.01 0.01 4 0.01 1.0 8 0.01
KL20-03 187 190 0.0159 159 0.01 0.01 310 6 6 0.01 0.01 5 0.01 0.0 34 0.01
KL20-03 190 193 0.0206 206 0.01 0.01 670 6 7 0.01 0.01 3 0.01 0.0 6 0.01
KL20-03 193 196 0.0222 222 0.01 0.01 277 8 7 0.01 0.01 2 0.01 0.0 7 0.01
KL20-03 196 197.7 0.0042 42 0.01 0.01 205 17 8 0.01 0.01 3 0.01 0.0 10 0.01
KL20-03 197.7 202 1.03 10300 1.4 1.6 2250 14 7 19 0.01 75 0.01 16.2 46 0.01
KL20-03 202 205.8 1.54 15400 1.86 2.2 254 8 11 257 0.01 56 0.01 13.5 80 0.01
KL20-03 205.8 208 1.4 14000 1.08 1.6 148 12 2 1120 0.01 56 0.01 18.2 20 0.01
KL20-03 208 211 2.21 22100 1.96 3.2 156 11 4 790 0.01 64 0.01 17.5 43 0.01
KL20-03 211 212.5 1.06 10600 1.13 2.3 90 5 1 77 0.01 21 0.2 6.2 24 0.01
KL20-03 212.5 214.8 2.99 29900 3.24 5.5 176 9 3 133 0.01 100 0.01 16.2 56 0.01
KL20-03 214.8 217.8 0.49 4900 0.69 1 105 11 1 172 0.01 57 0.01 15.7 34 0.01
KL20-03 217.8 220.4 3.96 39600 21.2 5.7 87 12 4 24 2 58 0.01 18.7 46 0.01
KL20-03 220.4 221.9 2.89 28900 3.47 4.3 52 7 9 58 4 27 0.01 16.8 112 0.01
KL20-03 221.9 224.9 1.16 11600 0.76 3.1 137 475 39 111 0.01 8 0.5 6.0 100 0.01
KL20-03 224.9 226.7 2.36 23600 4.1 7.4 32 13 1 27 9 12 0.01 30.0 74 0.01
KL20-03 226.7 229 1.7 17000 2.38 3.4 32 7 2 69 3 12 0.01 16.0 106 0.01
KL20-03 229 232 1.45 14500 1.92 2.3 29 0.01 1 125 0.01 9 0.01 11.5 117 0.01
KL20-03 232 235 0.67 6700 1.04 1.8 30 0.01 2 122 0.01 9 0.01 7.0 92 0.01
KL20-03 235 238 1.31 13100 1.34 2.7 26 0.01 3 283 0.01 8 0.01 10.5 71 0.01
KL20-03 238 240.5 0.125 1250 0.01 0.6 134 26 16 2 0.01 5 0.01 0.0 37 0.01
KL20-03 240.5 243.5 1.33 13300 1.72 2.4 32 7 1 113 0.01 10 0.01 12.5 71 0.01
KL20-03 243.5 246.5 1.43 14300 2.52 3.9 21 13 0.01 183 5 8 0.01 9.0 109 0.01
KL20-03 246.5 249.6 1.34 13400 1.48 4.3 22 0.01 0.01 131 2 8 0.01 10.0 105 0.01
KL20-03 249.6 252.7 1.55 15500 1.81 2.1 22 11 3 173 1 10 0.01 10.1 91 0.01
KL20-03 252.7 256 1.43 14300 1.52 2.1 30 15 1 200 2 16 0.5 9.0 90 0.01
KL20-03 256 259 1.09 10900 1.08 1.8 32 10 0.01 237 1 6 0.3 8.5 109 0.01
KL20-03 259 262 1.19 11900 1.81 1.2 30 9 1 327 1 7 0.01 7.0 76 0.01
KL20-03 262 265 1.18 11800 0.43 2.1 28 9 5 238 3 10 0.4 10.0 88 0.01
KL20-03 265 268 0.71 7100 1.03 0.7 18 5 0.01 130 1 7 0.5 5.0 51 0.01
KL20-03 268 271 0.95 9500 1.23 1.8 33 7 3 166 1 10 0.6 7.2 70 0.01
KL20-03 271 274 1.01 10100 1.28 1.9 27 10 3 172 2 8 0.01 10.0 56 0.01
KL20-03 274 277 1.41 14100 1.24 2.3 56 30 2 205 1 10 0.01 10.5 76 0.01
KL20-03 277 280 0.71 7100 0.72 1.1 37 6 3 300 0.01 6 0.01 5.6 82 0.01
KL20-03 280 283 0.75 7500 0.69 1.3 44 6 1 230 0.01 12 0.2 7.4 91 0.01
KL20-03 283 286.1 1.05 10500 0.65 1.6 40 8 2 320 0.01 13 0.01 8.5 88 0.01
KL20-03 286.1 289 1.01 10100 0.51 1.6 50 0.01 1 82 0.01 15 0.01 6.8 76 0.01
KL20-03 289 292 1.02 10200 0.49 1.9 43 0.01 0.01 251 0.01 19 0.01 9.5 74 0.01
KL20-03 292 294.1 0.83 8300 0.49 1.1 42 8 2 71 0.01 12 0.01 10.5 94 0.01
KL20-03 294.1 296 0.78 7800 0.81 1.2 39 0.01 1 141 0.01 13 0.01 5.0 82 0.01
KL20-03 296 298 0.438 4380 0.25 0.8 40 0.01 0.01 84 0.01 10 0.01 8.3 39 0.01
KL20-03 298 301 0.498 4980 0.25 1 46 0.01 0.01 114 0.01 13 0.01 7.5 43 0.01
KL20-03 301 304 0.499 4990 0.35 1 24 6 2 110 0.01 12 0.01 8.5 46 0.01
KL20-03 304 307.2 0.63 6300 0.51 1.2 33 10 7 230 0.01 9 0.01 7.3 50 0.01
KL20-03 307.2 310 0.85 8500 0.5 1.4 261 127 340 122 0.01 9 0.7 9.5 77 0.45
KL20-03 310 313 0.411 4110 0.25 0.8 18 0.01 13 110 0.01 10 0.3 6.8 76 0.12
KL20-03 313 316 0.93 9300 0.26 2.1 106 16 660 156 0.01 12 1.9 10.3 64 6.52
KL20-03 316 317.7 1.43 14300 0.8 2 39 7 180 270 0.01 13 0.4 14.0 83 0.38
KL20-03 317.7 320.5 1.14 11400 1.05 1.7 105 9 12 920 0.01 20 0.01 17.5 111 0.01
KL20-03 320.5 323.5 1.64 16400 1.52 3 121 7 14 278 0.01 30 0.01 13.0 74 0.01
KL20-03 323.5 325.7 0.78 7800 0.73 1.7 72 6 2 260 0.01 21 0.01 19.3 86 0.01
KL20-03 325.7 328 1.14 11400 0.67 2 43 7 15 1600 0.01 15 0.01 11.8 50 0.01
KL20-03 328 331 1.18 11800 0.83 1.8 50 8 1 1800 0.01 16 0.01 9.0 37 0.01
KL20-03 331 334 0.83 8300 0.59 1.4 34 0.01 0.01 1200 0.01 15 0.01 9.3 42 0.01



Appendix V - 49 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-03 334 337 1.38 13800 1.19 1.8 63 0.01 0.01 1600 0.01 18 0.01 12.0 27 0.01
KL20-03 337 340 1.18 11800 0.97 1.6 53 7 0.01 1200 0.01 19 0.01 11.3 28 0.01
KL20-03 340 343 1.28 12800 0.77 1.7 47 8 2 580 0.01 16 0.01 9.0 35 0.01
KL20-03 343 344.5 0.89 8900 0.51 1.8 58 6 0.01 1100 0.01 12 0.01 8.4 41 0.01
KL20-03 344.5 346.2 2.19 21900 0.86 3 83 6 2 2700 0.01 18 0.01 15.0 28 0.01
KL20-03 346.2 349 1.55 15500 0.59 3.3 84 13 11 2740 0.01 17 0.01 13.0 46 0.01
KL20-03 349 352 0.54 5400 0.22 1.4 97 12 9 4100 1 18 0.01 10.2 97 0.01
KL20-03 352 355 1.01 10100 0.79 2.6 112 26 4 3500 0.01 16 0.01 13.0 73 0.01
KL20-03 355 358 1.28 12800 0.46 6.5 90 28 14 1600 0.01 37 0.01 13.8 65 0.01
KL20-03 358 361 1.15 11500 0.14 4.8 72 30 18 3000 1 40 0.01 22.1 62 0.01
KL20-03 361 364 0.82 8200 0.25 3.8 78 25 11 1300 1 14 0.01 11.5 42 0.01
KL20-03 364 366 0.58 5800 0.32 3 51 12 17 1900 1 10 0.01 9.0 43 0.01
KL20-03 366 367.5 0.245 2450 0.2 1.8 53 32 24 1700 1 31 0.01 20.0 46 0.01
KL20-03 367.5 370 2.68 26800 1.56 21.8 510 48 24 55 6 158 0.01 24.5 64 0.01
KL20-03 370 373 1.58 15800 1.12 10.8 209 22 17 97 2 125 0.01 51.9 81 0.01
KL20-03 373 376 1.13 11300 1.17 6.5 138 24 15 340 0.01 32 0.01 25.8 111 0.01
KL20-03 376 379 0.54 5400 0.5 3.7 151 56 25 250 1 36 0.01 23.8 30 0.01
KL20-03 379 382 0.53 5300 0.49 1.6 141 20 7 46 0.01 14 0.01 7.8 46 0.01
KL20-03 382 385 0.92 9200 0.73 2.2 123 13 13 10 0.01 19 0.01 9.3 41 0.01
KL20-03 385 388 1.78 17800 1.71 3.4 164 14 3 92 0.01 41 0.01 16.0 54 0.01
KL20-03 388 391 2.92 29200 2.01 5 221 13 13 61 0.01 47 0.01 26.9 57 0.01
KL20-03 391 394 1.13 11300 1.21 1.9 110 9 7 0.01 0.01 18 0.01 11.0 55 0.01
KL20-03 394 397 0.96 9600 0.87 1.4 118 11 5 9 0.01 16 0.01 6.8 101 0.01
KL20-03 397 400 0.433 4330 0.62 0.8 78 10 12 1100 0.01 12 0.01 6.3 70 0.01
KL20-03 400 403 0.64 6400 0.78 1.1 57 8 19 2200 0.01 11 0.01 8.8 61 0.01
KL20-03 403 406 0.363 3630 0.48 0.8 49 8 20 4200 0.01 6 0.01 9.5 62 0.01
KL20-03 406 409 0.403 4030 0.54 1 50 7 23 2300 0.01 19 0.01 5.8 57 0.01
KL20-03 409 412 0.315 3150 0.39 1 45 7 14 1540 0.01 37 0.01 6.5 56 0.01
KL20-03 412 415 1.21 12100 1.32 3.8 149 11 25 2400 1 79 0.01 9.8 73 0.01
KL20-03 415 418 0.97 9700 1.12 4.5 117 8 27 930 0.01 90 0.01 7.0 59 0.01
KL20-03 418 420.6 1.14 11400 1.64 5.8 140 14 27 1770 0.01 70 0.01 7.3 76 0.01
KL20-03 420.6 423 0.54 5400 1.04 1.9 78 14 27 490 0.01 30 0.01 9.0 64 0.01
KL20-03 423 425.3 0.65 6500 1 1.4 67 11 30 220 0.01 14 0.01 6.3 74 0.01
KL20-03 425.3 427.5 0.89 8900 0.82 1.3 103 19 12 1620 0.01 16 0.01 10.8 80 0.01
KL20-03 427.5 429.9 1.52 15200 2.42 5.5 132 18 4 360 0.01 58 0.01 9.0 96 0.01
KL20-03 429.9 433 2.15 21500 2.77 4.9 239 14 2 40 0.01 53 0.5 12.0 40 0.01
KL20-03 433 435.2 2.2 22000 1.92 6.3 290 18 0.01 28 0.01 57 0.01 16.0 42 0.01
KL20-03 435.2 437.2 6.06 60600 4.28 19.3 510 10 4 27 0.01 98 0.01 32.5 40 0.01
KL20-03 437.2 439 6.78 67800 5 17.8 470 13 4 7 0.01 146 0.01 17.5 30 0.01
KL20-03 439 442 1.39 13900 2.22 8 283 25 1 40 0.01 122 0.01 13.2 41 0.01
KL20-03 442 445 1.72 17200 1.33 9.3 352 18 26 30 0.01 124 0.01 14.0 65 0.01
KL20-03 445 448 1.09 10900 0.62 6 127 16 43 320 0.01 82 0.01 8.5 83 0.01
KL20-03 448 450.2 0.325 3250 2.37 1.7 80 14 11 420 0.01 11 0.01 13.0 83 0.01
KL20-03 450.2 452.5 0.142 1420 0.17 0.8 42 12 7 130 0.01 8 0.01 2.7 107 0.01
KL20-03 452.5 454 0.15 1500 1.19 0.5 37 11 2 140 0.01 2 0.01 1.3 187 0.01
KL20-03 454 456.3 0.171 1710 0.2 0.5 61 23 6 490 0.01 7 0.01 1.9 99 0.01
KL20-03 456.3 458.5 0.123 1230 0.13 0.01 35 7 1 460 0.01 3 0.5 1.0 126 0.01
KL20-03 458.5 460.4 0.146 1460 0.14 0.01 34 8 3 110 0.01 9 0.01 2.0 52 0.01
KL20-03 460.4 463.6 0.191 1910 0.21 0.8 60 10 2 57 0.01 11 0.01 2.6 43 0.01
KL20-03 463.6 465.5 0.505 5050 0.45 1.4 88 20 4 58 0.01 18 0.01 5.3 58 0.01
KL20-03 465.5 467.5 0.364 3640 0.37 1.3 73 12 6 580 0.01 9 0.01 4.3 41 0.01
KL20-03 467.5 470.5 0.216 2160 0.3 1.1 28 10 22 500 1 2 0.01 2.8 47 0.01
KL20-03 470.5 473.5 0.326 3260 0.35 1.1 32 13 16 107 0.01 4 0.01 5.2 24 0.01
KL20-03 473.5 476.6 0.272 2720 0.24 1.3 55 24 6 72 1 3 0.01 3.3 41 0.01
KL20-03 476.6 478.4 0.078 780 0.12 0.5 64 17 9 3600 2 4 0.01 3.3 23 0.01
KL20-03 478.4 480.1 2.83 28300 1.89 7.8 550 26 32 40 1 56 0.01 19.4 49 0.01
KL20-03 480.1 482.1 2.26 22600 1.7 7.3 5600 28 19 15 1 90 0.01 10.9 27 0.01
KL20-03 482.1 483.8 0.0227 227 0.02 0.01 600 6 3 0.01 0.01 0.01 0.01 1.0 18 0.01
KL20-03 483.8 485.8 0.0038 38 0.01 0.01 9 7 0.01 3 0.01 0.01 0.01 1.8 16 0.01
KL20-03 485.8 487.8 0.0232 232 0.01 0.01 65 6 1 0.01 0.01 0.01 0.01 0.0 16 0.01
KL20-03 487.8 490.9 0.0075 75 0.01 0.01 19 6 1 0.01 0.01 0.01 0.01 1.8 20 0.01
KL20-03 490.9 493.9 0.0091 91 0.01 0.01 20 7 2 0.01 0.01 0.01 0.01 0.5 17 0.01
KL20-03 493.9 495.8 0.0021 21 0.01 0.01 19 10 0.01 2 0.01 0.01 0.01 1.0 21 0.01



Appendix V - 50 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-03 495.8 497.5 0.0027 27 0.01 0.9 306 64 2 4 0.01 0.01 0.7 2.2 18 0.01
KL20-03 497.5 500.5 0.001 10 0.01 0.01 43 14 3 3 0.01 0.01 0.01 1.0 18 0.01
KL20-03 500.5 503.5 0.0005 5 0.01 0.01 15 8 1 2 0.01 0.01 0.01 0.7 18 0.01
KL20-03 503.5 506.5 0.0027 27 0.01 0.01 26 7 3 6 0.01 0.01 0.5 0.7 17 0.01
KL20-03 506.5 509.5 0.001 10 0.01 0.01 16 7 1 3 0.01 0.01 0.01 0.7 16 0.01
KL20-03 509.5 512.5 0.0015 15 0.01 0.01 13 8 0.01 2 0.01 2 0.01 0.0 24 0.01
KL20-03 512.5 515.5 0.0031 31 0.01 0.01 46 6 2 5 0.01 0.01 0.01 0.0 17 0.01
KL20-03 515.5 518.5 0.0035 35 0.01 0.01 16 7 1 6 0.01 0.01 0.01 0.7 24 0.01
KL20-03 518.5 521.5 0.0018 18 0.01 0.01 10 6 0.01 5 0.01 0.01 0.01 0.5 16 0.01
KL20-03 521.5 524.5 0.0012 12 0.01 0.01 28 12 0.01 3 0.01 0.01 0.01 0.7 17 0.01
KL20-03 524.5 527.5 0.001 10 0.01 0.01 16 7 0.01 9 0.01 0.01 0.01 0.6 21 0.01
KL20-03 527.5 530.5 0.0086 86 0.01 0.01 15 20 4 7 0.01 2 0.01 1.1 15 0.01
KL20-03 530.5 533.5 0.0012 12 0.01 0.01 48 14 0.01 5 0.01 0.01 0.01 1.0 17 0.01
KL20-03 533.5 536.2 0.0012 12 0.01 0.01 15 12 0.01 4 0.01 0.01 0.01 0.0 18 0.01
KL20-03 536.2 538 0.0005 5 0.01 0.01 5 6 0.01 3 0.01 0.01 0.01 0.0 13 0.01
KL20-04 0 2.9 0.0039 39 0.06 3.1 236 77 9 24 0.01 0.01 2.2 1.9 21 0.01
KL20-04 2.9 6 0.0018 18 0.01 0.8 169 72 4 6 0.01 0.01 0.6 1.3 19 0.01
KL20-04 6 8.8 0.0015 15 0.01 0.6 88 46 2 5 0.01 0.01 0.8 0.0 21 0.01
KL20-04 8.8 12 0.0009 9 0.01 0.8 212 145 4 4 0.01 0.01 0.8 2.4 22 0.01
KL20-04 12 14.5 0.0034 34 0.01 1 500 312 15 3 0.01 0.01 1.3 1.1 25 0.01
KL20-04 14.5 17.5 0.0014 14 0.01 0.01 102 63 2 3 0.01 0.01 0.01 0.9 23 0.01
KL20-04 17.5 20.5 0.0068 68 0.01 1 790 460 16 2 0.01 0.01 6.9 1.2 28 0.01
KL20-04 20.5 22 0.0016 16 0.01 0.01 86 111 4 4 0.01 0.01 0.9 0.0 29 0.01
KL20-04 22 25 0.001 10 0.02 1.2 274 980 3 6 0.01 0.01 1 1.9 26 0.01
KL20-04 25 28 0.0013 13 0.02 2.6 800 830 6 3 0.01 0.01 0.01 2.0 38 0.01
KL20-04 28 31 0.0007 7 0.01 0.01 246 208 2 8 0.01 0.01 0.01 0.0 30 0.01
KL20-04 31 34 0.0013 13 0.01 0.8 810 460 2 4 0.01 0.01 1 1.8 31 0.01
KL20-04 34 35.5 0.0041 41 0.01 8.1 3270 3050 8 15 0.01 0.01 3.9 10.0 23 0.01
KL20-04 35.5 38.5 0.0008 8 0.01 3.2 328 211 11 16 0.01 0.01 0.5 1.0 13 0.01
KL20-04 38.5 43 0.0018 18 0.01 25.9 810 630 14 10 0.01 0.01 4.7 2.9 7 0.01
KL20-04 43 46 0.169 1690 0.7 62 25600 16300 840 8 0.01 0.01 50 16.0 14 0.63
KL20-04 46 49 0.0134 134 0.04 6.5 2110 1310 52 4 0.01 0.01 5 2.8 16 0.01
KL20-04 49 52 0.003 30 0.01 12.2 379 213 15 7 0.01 0.01 2.6 2.2 8 0.01
KL20-04 52 55 0.0013 13 0.01 2.2 238 166 9 4 0.01 0.01 1.1 1.5 8 0.01
KL20-04 55 58 0.0019 19 0.01 2.6 359 298 13 8 0.01 0.01 1.4 7.2 12 0.01
KL20-04 58 61 0.018 180 0.15 59 15200 14500 42 5 0.01 0.01 40 26.4 15 0.01
KL20-04 61 64 0.0061 61 0.06 50 4800 6600 16 3 0.01 0.01 14.4 33.0 13 0.01
KL20-04 64 67 0.0013 13 0.02 4.9 720 1530 10 0.01 0.01 0.01 2 5.0 10 0.01
KL20-04 67 70 0.003 30 0.03 11.9 2780 4220 23 7 0.01 0.01 5.4 6.6 19 0.01
KL20-04 70 73 0.0034 34 0.03 6.8 1120 3200 12 4 0.01 0.01 3 12.3 20 0.01
KL20-04 73 76 0.0028 28 0.01 9.5 416 6700 4 3 0.01 0.01 6.8 16.4 14 0.01
KL20-04 76 79 0.0022 22 0.01 1.6 510 1120 6 7 0.01 0.01 0.6 4.9 9 0.01
KL20-04 79 82 0.0029 29 0.01 2.1 1330 760 12 6 0.01 0.01 1 3.8 11 0.01
KL20-04 82 85 0.0048 48 0.01 1.8 420 590 14 20 0.01 0.01 0.7 2.6 7 0.01
KL20-04 85 88 0.0076 76 0.01 1.3 409 690 15 24 2 0.01 0.01 3.3 13 0.01
KL20-04 88 89.2 0.0096 96 0.03 0.01 460 249 12 5 0.01 0.01 0.01 3.0 10 0.01
KL20-04 89.2 91 0.0097 97 0.03 5.3 1780 3820 18 9 2 0.01 2.6 17.5 11 0.01
KL20-04 91 94 0.58 5800 0.95 11.2 3070 3000 12 41 40 21 0.9 59.5 32 0.01
KL20-04 94 97 0.57 5700 0.73 60 20100 97200 13 149 130 14 10.3 663.0 42 0.01
KL20-04 97 100 0.498 4980 0.72 15.5 3770 2300 38 9 57 18 1.3 97.0 32 0.01
KL20-04 100 103 0.093 930 0.42 2 1610 213 11 3 0.01 4 0.4 7.1 21 0.01
KL20-04 103 106 0.05 500 0.28 2.4 1330 520 27 6 1 2 0.7 6.1 19 0.01
KL20-04 106 109 0.0329 329 0.16 2.1 1670 570 11 6 8 2 0.6 10.0 24 0.01
KL20-04 109 112 0.054 540 0.13 5.2 3060 1410 10 2 23 3 1.3 14.0 29 0.01
KL20-04 112 115 0.051 510 0.13 1.6 4820 360 8 0.01 40 4 0.8 17.7 19 0.01
KL20-04 115 118 0.154 1540 0.46 8.3 6800 8100 13 26 22 8 0.6 65.0 25 0.01
KL20-04 118 121 0.6 6000 1.19 15.2 12700 2500 33 26 56 32 5.2 82.0 26 0.01
KL20-04 121 124 1.73 17300 2.71 44 16000 5000 42 260 160 24 4.6 79.8 63 0.01
KL20-04 124 127 0.282 2820 0.85 3.5 470 160 140 800 1 8 3.4 12.6 36 0.01
KL20-04 127 130 0.222 2220 0.72 2.3 204 113 20 395 0.01 9 6.2 6.5 40 0.01
KL20-04 130 133 0.299 2990 0.95 2.1 590 78 130 149 11 14 8.1 13.4 23 0.01
KL20-04 133 136 1.11 11100 3.53 2.3 2100 120 19 134 36 19 0.9 15.6 26 0.01
KL20-04 136 139 0.316 3160 0.86 0.9 148 40 23 270 1 10 0.8 21.5 46 0.01



Appendix V - 51 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-04 139 142 0.95 9500 1.03 2.1 885 21 19 234 2 20 0.3 19.0 53 0.01
KL20-04 142 145 1.19 11900 0.84 38 30800 2900 2860 340 10 11 10 11.0 47 2.99
KL20-04 145 148 0.74 7400 0.85 2 670 47 38 359 3 14 1.8 8.1 35 0.01
KL20-04 148 151 0.202 2020 0.56 1.1 125 19 19 213 1 6 1 5.8 60 0.01
KL20-04 151 154 0.4 4000 0.97 9 6200 1180 170 470 1 11 7.3 10.0 57 0.33
KL20-04 154 157 0.117 1170 0.83 3.7 1440 280 140 220 3 8 12.3 7.7 68 0.17
KL20-04 157 160 0.244 2440 0.88 1.4 154 39 14 444 2 10 1.7 17.7 76 0.01
KL20-04 160 163 0.58 5800 1.46 1.9 440 13 39 157 2 13 4 32.5 46 0.01
KL20-04 163 166 0.058 580 0.15 0.01 88 15 3 2700 1 10 4.3 8.4 22 0.01
KL20-04 166 169 0.058 580 0.4 0.7 58 14 28 1500 0.01 9 0.01 8.3 53 0.01
KL20-04 169 172 0.047 470 8.42 21 270 34 62 775 1 10 11.8 5.1 96 0.13
KL20-04 172 175 1.4 14000 1.27 4.4 2000 19 5 30 0.01 66 0.01 25.5 70 0.01
KL20-04 175 178 1.02 10200 0.65 2.8 450 64 22 61 0.01 53 0.01 13.3 53 0.01
KL20-04 178 181 1.83 18300 1.09 1.8 236 43 0.01 63 0.01 55 0.01 25.5 42 0.01
KL20-04 181 185.2 1.07 10700 0.9 1.3 1090 120 15 28 2 37 0.7 15.5 35 0.01
KL20-04 185.2 190 2 20000 1.58 1.7 234 18 0.01 8 0.01 43 0.01 26.0 14 0.01
KL20-04 190 193 2.42 24200 1.75 2.8 258 14 0.01 2 0.01 56 0.01 26.9 16 0.01
KL20-04 193 197.5 1.68 16800 1.16 2 239 10 7 142 0.01 42 0.01 24.0 34 0.01
KL20-04 197.5 200.5 4.1 41000 2.13 3.4 164 7 0.01 165 0.01 51 0.01 28.8 28 0.01
KL20-04 200.5 203.5 0.925 9250 0.4 1.6 152 17 0.01 147 0.01 57 0.01 29.0 42 0.01
KL20-04 203.5 206.5 0.7 7000 0.28 2.7 114 91 1 66 0.01 57 0.2 19.2 29 0.01
KL20-04 206.5 209.5 1.74 17400 1.08 2.9 180 11 0.01 68 0.01 29 0.01 12.5 27 0.01
KL20-04 209.5 212.5 1.05 10500 0.76 1 114 8 0.01 76 0.01 51 0.01 25.3 38 0.01
KL20-04 212.5 215.5 1.35 13500 0.97 1.6 96 5 0.01 27 3 46 0.3 8.7 54 0.01
KL20-04 215.5 218.5 4.88 48800 1.63 10.5 98 9 0.01 5 2 54 0.01 8.4 50 0.01
KL20-04 218.5 221 1.45 14500 0.75 4.8 25 6 0.01 138 1 9 0.4 4.0 63 0.01
KL20-04 221 223.7 1.5 15000 0.87 8.6 22 5 1 163 0.01 8 0.2 3.1 51 0.01
KL20-04 223.7 226 1.7 17000 0.88 3.8 84 52 3 64 1 16 0.01 10.6 63 0.01
KL20-04 226 229 1.71 17100 1.57 2.5 31 9 0.01 84 3 11 0.01 11.9 106 0.01
KL20-04 229 232 1.24 12400 1.92 2.6 17 5 18 88 3 8 0.2 12.0 49 0.01
KL20-04 232 235 0.77 7700 1.29 2.1 31 6 5 63 0.01 7 0.01 5.8 45 0.01
KL20-04 235 238 0.93 9300 0.9 1.5 50 9 0.01 103 0.01 8 0.01 8.0 70 0.01
KL20-04 238 241 1.41 14100 1.51 3.2 28 5 0.01 203 2 12 0.01 16.3 62 0.01
KL20-04 241 244 1.5 15000 1.5 4.5 23 8 0.01 116 4 10 0.01 16.3 50 0.01
KL20-04 244 247 1.8 18000 1.95 4.7 35 6 0.01 107 5 10 0.01 13.5 105 0.01
KL20-04 247 250 1.52 15200 1.65 4 42 20 16 32 9 10 0.7 19.0 86 0.01
KL20-04 250 253 1.45 14500 2.02 3.4 28 14 2 37 7 8 0.01 14.0 73 0.01
KL20-04 253 256 1.21 12100 0.72 1.8 63 20 12 129 0.01 7 0.01 11.5 84 0.01
KL20-04 256 259 1.13 11300 0.65 1.1 37 14 1 51 0.01 5 0.01 8.0 75 0.01
KL20-04 259 262 1.25 12500 0.94 1.3 39 13 1 55 1 7 0.01 11.0 77 0.01
KL20-04 262 265 0.011 110 0.01 0.01 61 25 2 3 0.01 15 0.01 0.0 20 0.01
KL20-04 265 268 1.8 18000 1.14 3.6 56 12 2 65 2 14 0.01 6.7 81 0.01
KL20-04 268 271 1.34 13400 0.75 2.4 36 10 2 114 0.01 12 0.01 11.7 69 0.01
KL20-04 271 274 1.07 10700 0.65 1.4 31 16 2 273 0.01 10 0.01 12.5 30 0.01
KL20-04 274 275.5 1.84 18400 1.06 3.9 42 17 10 240 1 15 0.01 16.5 63 0.01
KL20-04 275.5 278 1.75 17500 1.35 3.5 41 16 19 289 0.01 10 0.01 6.5 32 0.01
KL20-04 278 279.1 2.13 21300 1.32 2.4 64 15 23 171 1 38 0.01 11.2 172 0.01
KL20-04 279.1 281.5 1.26 12600 1.15 1.8 94 12 94 148 1 14 0.01 6.4 31 0.01
KL20-04 281.5 284.5 1.16 11600 0.77 2 50 14 22 400 0.01 10 0.9 8.5 26 0.01
KL20-04 284.5 286.4 0.74 7400 0.35 1.2 32 7 27 720 0.01 7 0.01 4.2 29 0.01
KL20-04 286.4 288.5 0.75 7500 0.41 1.4 27 8 12 303 0.01 7 0.4 4.4 51 0.01
KL20-04 288.5 290.5 1.47 14700 0.59 2.6 40 15 4 1020 0.01 10 0.6 3.0 25 0.01
KL20-04 290.5 292.9 2.26 22600 1.05 4.2 57 13 9 1300 0.01 17 0.5 8.8 31 0.01
KL20-04 292.9 295 2.85 28500 1.78 11.2 294 11 40 1370 2 126 0.01 12.5 125 0.01
KL20-04 295 298 1.77 17700 2 17.1 25900 24 52 123 13 96 0.01 35.3 150 0.01
KL20-04 298 301 0.48 4800 1.36 4.9 14900 54 76 8 62 63 0.01 102.0 150 0.01
KL20-04 301 304 0.495 4950 2.2 5.3 830 40 100 21 15 85 0.01 9.4 128 0.01
KL20-04 304 307 0.72 7200 0.68 5.1 1200 36 17 36 9 92 0.2 31.1 95 0.01
KL20-04 307 310 2.24 22400 1.3 14 359 18 9 107 40 56 0.01 31.0 151 0.01
KL20-04 310 313 2.06 20600 3.22 15.1 367 43 87 53 11 25 0.01 6.5 90 0.01
KL20-04 313 315.2 0.386 3860 1.42 2 720 10 36 34 2 66 0.01 13.0 53 0.01
KL20-04 315.2 316.5 0.323 3230 0.63 0.01 420 8 6 15 0.01 54 0.01 7.4 56 0.01
KL20-04 316.5 319.3 0.288 2880 0.9 0.01 3750 11 10 14 13 63 0.01 7.4 40 0.01



Appendix V - 52 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-04 319.3 320.5 0.66 6600 0.5 0.01 660 10 8 117 0.01 9 0.01 6.3 32 0.01
KL20-04 320.5 323.4 0.155 1550 1.53 1.5 14400 21 34 12 14 76 0.01 8.6 30 0.01
KL20-04 323.4 325.5 0.404 4040 0.3 3.4 890 40 26 18 1 19 0.01 6.5 47 0.01
KL20-04 325.5 328.5 1.19 11900 1.37 4.4 500 81 50 8 1 28 0.01 6.5 51 0.01
KL20-04 328.5 331.5 0.324 3240 0.37 0.01 87 25 71 8 0.01 7 0.01 5.5 57 0.01
KL20-04 331.5 334.5 0.054 540 1.67 0.01 46 18 34 5 0.01 3 0.01 0.9 60 0.01
KL20-04 334.5 336.5 0.0173 173 0.65 0.01 26 16 29 15 0.01 2 0.01 0.9 45 0.01
KL20-04 336.5 338.6 0.0136 136 0.17 0.01 22 13 33 17 0.01 2 0.01 0.0 43 0.01
KL20-04 338.6 340.5 0.0084 84 0.08 0.01 18 14 26 26 0.01 2 0.01 0.0 54 0.01
KL20-04 340.5 343.5 0.0044 44 0.1 0.01 25 15 25 21 0.01 2 0.01 0.0 55 0.01
KL20-04 343.5 346.5 0.0036 36 0.06 0.01 33 18 15 15 0.01 3 0.2 0.8 50 0.01
KL20-04 346.5 349.5 0.0032 32 0.03 0.01 40 19 11 3670 0.01 3 0.2 4.0 65 0.01
KL20-04 349.5 351.5 0.223 2230 0.08 0.01 41 20 7 2320 0.01 3 0.01 3.5 47 0.01
KL20-04 351.5 353.3 0.185 1850 0.21 0.01 36 19 14 870 0.01 2 0.01 2.0 64 0.01
KL20-04 353.3 354.2 15.3 153000 13.2 17.3 610 18 8 94 6 122 0.01 7.5 52 0.01
KL20-04 354.2 356 0.101 1010 0.08 0.01 40 7 9 83 0.01 5 0.01 0.5 100 0.01
KL20-04 356 358 0.0351 351 0.09 0.01 27 11 18 1370 0.01 4 0.01 2.0 75 0.01
KL20-04 358 360.8 0.0182 182 0.09 0.01 31 18 18 4360 0.01 3 0.01 6.0 70 0.01
KL20-04 360.8 363.3 0.423 4230 0.46 0.01 21 14 16 58 6 3 0.01 6.7 48 0.01
KL20-04 363.3 366.5 1.61 16100 1.33 2 33 14 30 104 0.01 18 0.01 5.4 56 0.01
KL20-04 366.5 369.5 0.71 7100 2.05 2 20 76 20 30 120 3 0.2 9.3 50 0.01
KL20-04 369.5 372.5 0.0122 122 0.09 0.01 17 18 20 43 0.01 3 0.6 0.0 58 0.01
KL20-04 372.5 375.5 0.115 1150 0.1 0.01 30 23 21 272 0.01 2 0.3 1.2 67 0.01
KL20-04 375.5 378.5 0.294 2940 0.16 1.3 121 35 12 1460 1 4 0.2 4.8 74 0.01
KL20-04 378.5 380.3 1.65 16500 0.81 4.8 239 89 38 540 0.01 13 0.3 11.3 81 0.01
KL20-04 380.3 382.5 0.89 8900 0.65 2.3 113 36 32 115 1 5 0.01 7.4 57 0.01
KL20-04 382.5 385.5 2.21 22100 1.75 5.2 135 56 58 117 3 15 0.01 15.5 78 0.01
KL20-04 385.5 387.8 0.85 8500 1.06 2.3 73 38 51 32 1 10 0.01 11.6 63 0.01
KL20-04 387.8 389.1 5.25 52500 4.12 12.5 402 54 73 11 2 114 0.01 21.0 66 0.01
KL20-04 389.1 391.5 2.24 22400 2 4.7 320 26 31 3 0.01 107 0.01 6.0 43 0.01
KL20-04 391.5 393.9 1.41 14100 1.05 4.5 151 73 78 11 0.01 34 0.01 12.5 55 0.01
KL20-04 393.9 395.5 1.63 16300 1.67 4.8 269 56 30 52 0.01 51 0.3 13.2 58 0.01
KL20-04 395.5 397.5 0.237 2370 0.21 0.01 106 83 89 2 0.01 4 0.01 3.2 56 0.01
KL20-04 397.5 400.5 0.116 1160 0.08 0.01 27 22 26 6 0.01 4 0.01 1.2 57 0.01
KL20-04 400.5 403.5 0.248 2480 0.15 1.3 28 32 33 9 1 4 0.01 3.6 61 0.01
KL20-04 403.5 406.5 0.71 7100 0.47 2.4 156 47 62 18 0.01 4 0.01 6.8 62 0.01
KL20-04 406.5 409.5 0.83 8300 0.58 3.6 161 123 50 330 1 7 0.01 11.6 108 0.01
KL20-04 409.5 412.5 0.212 2120 0.13 0.01 349 18 24 183 0.01 6 0.2 9.5 152 0.01
KL20-04 412.5 415.5 0.54 5400 0.41 2.4 295 141 47 21 1 8 0.2 7.0 80 0.01
KL20-04 415.5 417.5 1.2 12000 0.54 5 530 204 65 90 1 24 0.4 12.0 65 0.01
KL20-04 417.5 419.4 1.47 14700 0.84 7.4 500 91 8 3 0.01 87 0.01 7.8 32 0.01
KL20-04 419.4 421.5 0.86 8600 0.2 4.8 1410 510 6 21 2 102 0.01 10.8 32 0.01
KL20-04 421.5 424.5 0.65 6500 0.53 3.2 8000 34 14 272 10 177 1 41.2 96 0.01
KL20-04 424.5 427.5 2.44 24400 1.32 8.3 14500 15 8 1300 12 142 0.6 60.0 76 0.01
KL20-04 427.5 430.3 2.49 24900 1.91 9.9 4750 17 5 920 384 190 0.01 82.0 82 0.01
KL20-04 430.3 432.6 1.01 10100 1.16 3 389 25 27 51 141 33 0.01 12.4 74 0.01
KL20-04 432.6 434.5 6.08 60800 4.42 17.3 1250 20 22 620 5 460 0.01 62.5 87 0.01
KL20-04 434.5 436.7 0.65 6500 0.6 1.5 62 8 27 78 3 8 0.2 8.6 76 0.01
KL20-04 436.7 439.1 0.348 3480 0.4 0.01 53 11 18 74 0.01 4 0.01 6.2 86 0.01
KL20-04 439.1 442.1 0.25 2500 0.29 0.01 53 7 4 67 0.01 6 0.01 4.5 164 0.01
KL20-04 442.1 444.7 0.18 1800 0.1 0.01 23 8 2 193 0.01 6 0.01 5.9 133 0.01
KL20-04 444.7 446.9 0.157 1570 0.16 0.01 30 8 6 510 0.01 7 0.01 7.0 141 0.01
KL20-04 446.9 449.3 0.139 1390 0.04 0.01 30 8 15 390 0.01 4 0.01 6.3 182 0.01
KL20-04 449.3 451.5 0.176 1760 0.13 0.01 95 15 11 640 0.01 5 0.01 3.2 97 0.01
KL20-04 451.5 453.9 0.141 1410 0.37 0.01 34 10 5 250 0.01 5 0.01 3.9 160 0.01
KL20-04 453.9 455.6 0.26 2600 0.21 0.01 570 70 40 44 0.01 4 0.01 3.9 78 0.01
KL20-04 455.6 458.5 0.106 1060 0.23 0.01 214 18 36 630 0.01 3 0.01 3.0 61 0.01
KL20-04 458.5 460.2 0.63 6300 1.15 0.9 293 32 87 460 3 7 0.01 9.8 45 0.01
KL20-04 460.2 463.2 1.34 13400 2.52 3.3 3300 630 36 2550 4 32 0.2 18.0 30 0.01
KL20-04 463.2 466.2 1.09 10900 1.08 5.2 1010 12 68 140 0.01 21 0.01 14.1 23 0.01
KL20-04 466.2 468.1 1.67 16700 1.52 9 1350 30 97 127 0.01 52 0.7 13.0 25 0.01
KL20-04 468.1 471.1 0.081 810 0.24 0.01 153 35 21 39 5 6 1 1.4 53 0.01
KL20-04 471.1 473.2 0.0182 182 0.15 0.01 57 34 16 34 5 5 0.3 0.0 47 0.01



Appendix V - 53 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-04 473.2 475.5 0.034 340 0.19 0.01 112 57 30 370 30 8 1.3 1.5 52 0.01
KL20-04 475.5 477.5 1.48 14800 1.5 12.6 5500 362 44 2230 14 73 1.4 16.5 61 0.01
KL20-04 477.5 479.5 0.0107 107 0.01 0.01 53 17 2 16 0.01 3 0.01 0.5 11 0.01
KL20-04 479.5 481.5 0.0184 184 0.01 0.01 90 36 2 30 0.01 2 0.3 0.6 10 0.01
KL20-04 481.5 484.5 0.0026 26 0.01 0.01 16 8 2 3 0.01 2 0.3 0.5 12 0.01
KL20-04 484.5 489.4 0.0059 59 0.01 0.01 17 14 3 3 0.01 3 0.01 0.8 20 0.01
KL20-04 489.4 492.5 0.0024 24 0.01 0.01 14 8 4 3 0.01 2 0.2 0.0 12 0.01
KL20-04 492.5 495.6 0.0085 85 0.01 0.01 34 14 6 10 0.01 2 1.1 2.1 22 0.01
KL20-04 495.6 498.7 0.0051 51 0.01 0.01 29 9 3 4 0.01 0.01 0.4 0.5 15 0.01
KL20-04 498.7 501.7 0.0072 72 0.01 0.01 14 11 4 10 0.01 0.01 0.01 1.2 20 0.01
KL20-05 0 2.7 0.0058 58 0.08 3 510 237 19 11 0.01 0.01 1.7 4.9 21 0.01
KL20-05 2.7 6 0.0042 42 0.06 2 530 570 17 7 0.01 0.01 2.4 4.8 25 0.01
KL20-05 6 9 0.0031 31 0.02 0.6 66 73 3 6 0.01 0.01 0.9 4.0 22 0.01
KL20-05 9 12 0.0025 25 0.02 0.9 178 184 2 6 0.01 0.01 0.8 3.8 25 0.01
KL20-05 12 15 0.002 20 0.01 0.6 70 102 2 6 0.01 0.01 0.7 1.7 20 0.01
KL20-05 15 18 0.0026 26 0.01 1.1 97 107 3 8 0.01 0.01 0.9 2.6 26 0.01
KL20-05 18 21 0.0023 23 0.01 1.1 254 440 5 3 0.01 0.01 0.7 3.7 26 0.01
KL20-05 21 24 0.0099 99 0.01 0.5 67 75 0.01 3 0.01 0.01 1 1.8 25 0.01
KL20-05 24 26.6 0.0045 45 0.02 1.4 760 430 12 2 0.01 0.01 1.3 3.9 26 0.01
KL20-05 26.6 29.6 0.0224 224 0.02 1 372 334 2 5 0.01 0.01 1.6 2.8 27 0.01
KL20-05 29.6 31.6 0.002 20 0.01 0.9 226 134 3 8 0.01 0.01 0.7 2.4 30 0.01
KL20-05 31.6 34.5 0.0036 36 0.02 1.4 243 311 4 10 0.01 0.01 1.2 3.9 26 0.01
KL20-05 34.5 37.5 0.006 60 0.07 7.8 780 2275 19 21 4 0.01 5.5 13.5 27 0.01
KL20-05 37.5 40.4 0.0032 32 0.03 4.2 490 510 14 14 0.01 0.01 1.7 5.3 15 0.01
KL20-05 40.4 43.3 0.0018 18 0.02 3.1 393 209 15 20 0.01 0.01 1.3 3.6 14 0.01
KL20-05 43.3 46.3 0.0022 22 0.02 4.3 1070 750 9 14 0.01 0.01 2.8 5.6 13 0.01
KL20-05 46.3 48 0.0028 28 0.05 7.1 970 560 14 10 0.01 0.01 3.7 5.1 17 0.01
KL20-05 48 51 0.0015 15 0.02 3.2 232 147 5 11 0.01 0.01 0.8 2.4 17 0.01
KL20-05 51 54 0.0016 16 0.02 4.6 780 329 11 8 0.01 0.01 1.4 5.1 17 0.01
KL20-05 54 56.6 0.0017 17 0.02 3.5 359 440 6 6 0.01 0.01 1.2 5.3 21 0.01
KL20-05 56.6 60 0.0018 18 0.03 3.5 252 222 6 7 0.01 0.01 0.6 3.8 14 0.01
KL20-05 60 63 0.0073 73 0.04 7.3 1550 2925 19 83 0.01 0.01 4.9 17.5 16 0.01
KL20-05 63 66 0.0041 41 0.03 5.1 272 259 16 11 0.01 0.01 1.6 3.0 17 0.01
KL20-05 66 68.8 0.0066 66 0.02 4.6 810 530 11 9 0.01 0.01 1.9 4.1 18 0.01
KL20-05 68.8 71.8 0.0054 54 0.04 7.8 4400 2625 11 8 0.01 0.01 4.7 11.0 12 0.24
KL20-05 71.8 74.9 0.0158 158 0.1 28.5 19900 19100 35 11 0.01 0.01 18 29.9 11 0.79
KL20-05 74.9 78 0.0025 25 0.04 6.9 8100 5600 3 5 0.01 0.01 4 11.5 17 0.18
KL20-05 78 81 0.002 20 0.02 2.2 1470 910 5 4 0.01 0.01 1.3 4.2 15 0.01
KL20-05 81 82.5 0.0115 115 0.03 1.7 2280 3100 26 7 0.01 0.01 1 5.8 16 0.01
KL20-05 82.5 85.5 0.0056 56 0.02 1.6 1890 2100 9 8 0.01 0.01 2.7 8.1 16 0.01
KL20-05 85.5 88.5 0.0045 45 0.01 2.4 1150 1250 7 8 4 0.01 0.7 6.0 17 0.01
KL20-05 88.5 91.5 0.0038 38 0.01 0.8 256 368 8 6 1 0.01 0.01 3.1 14 0.01
KL20-05 91.5 94.5 0.0033 33 0.03 1.6 630 860 9 10 0.01 0.01 0.8 6.8 17 0.01
KL20-05 94.5 97.5 0.0076 76 0.03 0.8 295 170 10 7 0.01 0.01 0.5 4.9 19 0.01
KL20-05 97.5 100.5 0.0054 54 0.08 1.1 440 205 16 6 0.01 0.01 0.01 2.8 22 0.01
KL20-05 100.5 102.3 0.0023 23 0.02 1.7 690 750 4 10 0.01 0.01 0.8 5.3 17 0.01
KL20-05 102.3 105.5 0.0193 193 0.08 0.9 348 63 13 7 0.01 0.01 0.01 2.5 18 0.01
KL20-05 105.5 108 0.091 910 0.18 1 1630 54 20 8 0.01 3 0.7 3.8 26 0.01
KL20-05 108 111 0.106 1060 0.46 2.1 7200 353 16 15 3 16 0.8 12.8 32 0.01
KL20-05 111 113.8 0.23 2300 0.57 4.1 7300 386 28 5 8 12 0.9 16.4 21 0.01
KL20-05 113.8 116.9 0.0254 254 0.07 0.9 1720 79 7 7 1 0.01 0.01 5.8 26 0.01
KL20-05 116.9 118.5 0.0359 359 0.16 1.4 3650 28 12 4 2 0.01 0.01 12.0 20 0.01
KL20-05 118.5 121.5 0.0295 295 0.12 1.4 1560 430 12 9 5 0.01 0.3 11.9 21 0.01
KL20-05 121.5 124.5 0.045 450 0.26 1.6 2260 160 14 8 10 0.01 0.5 18.3 23 0.01
KL20-05 124.5 127.5 0.062 620 0.38 1.8 3000 291 13 8 9 3 0.2 28.0 24 0.01
KL20-05 127.5 130.5 0.41 4100 0.57 4.3 4450 440 52 7 30 3 1.8 45.1 25 0.01
KL20-05 130.5 134.8 0.51 5100 0.99 3.8 21400 234 55 15 23 21 2 52.0 27 0.01
KL20-05 134.8 138 0.6 6000 1.15 9.7 19200 114 11 95 267 19 1 104.0 69 0.01
KL20-05 138 142.7 0.337 3370 0.85 5 1390 140 93 208 230 19 2.3 38.8 170 0.01
KL20-05 142.7 147 0.24 2400 0.96 1.9 920 55 84 321 84 6 5.3 40.0 172 0.01
KL20-05 147 150 1.23 12300 2.13 3.2 281 18 7 980 4 14 0.01 18.8 99 0.01
KL20-05 150 153 0.98 9800 2.9 3.4 580 19 21 410 34 11 0.5 18.0 67 0.01
KL20-05 153 156 0.43 4300 1.02 1.9 256 47 30 560 4 7 0.4 11.5 73 0.01



Appendix V - 54 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-05 156 159 0.42 4200 1.58 2.1 500 73 77 180 20 12 2.3 14.5 87 0.01
KL20-05 159 162 1.04 10400 1.46 3.2 680 96 48 350 6 11 1.9 13.0 85 0.01
KL20-05 162 165 0.4 4000 4.42 2.6 8000 191 60 400 84 9 1.1 30.4 43 0.01
KL20-05 165 168 1.41 14100 1.18 6.9 2400 810 24 1770 12 26 0.5 40.0 47 0.01
KL20-05 168 171 1.04 10400 1.32 4.2 460 45 16 510 1 23 0.3 14.0 91 0.01
KL20-05 171 174 0.59 5900 1.12 3.5 590 25 18 110 4 16 0.3 22.5 60 0.01
KL20-05 174 177 0.294 2940 0.7 2.5 224 14 37 1250 2 13 0.4 21.0 89 0.01
KL20-05 177 180.1 0.369 3690 1.57 2.5 350 19 16 2200 37 16 0.4 41.3 95 0.01
KL20-05 180.1 181.7 2.65 26500 3.98 6.4 375 16 9 770 112 6 0.3 47.0 60 0.01
KL20-05 181.7 184.5 3.96 39600 8.58 17.7 1300 11 6 260 82 49 0.5 80.5 30 0.01
KL20-05 184.5 187.5 0.98 9800 2.36 4.9 235 20 13 160 30 11 0.3 85.7 43 0.01
KL20-05 187.5 190.5 1.88 18800 3.9 5.6 185 10 24 60 16 24 0.4 68.0 45 0.01
KL20-05 190.5 193.5 0.048 480 0.01 0.6 116 30 6 7 0.01 6 0.2 0.0 63 0.01
KL20-05 193.5 195.8 1.4 14000 0.86 4.8 172 39 37 270 12 90 5 32.2 118 0.01
KL20-05 195.8 198.1 2.51 25100 0.68 5.8 194 19 2 260 0.01 73 0.3 40.5 90 0.5
KL20-05 198.1 201 0.81 8100 0.3 1.6 89 7 1 300 2 33 0.01 9.0 23 0.01
KL20-05 201 204 0.044 440 0.01 0.01 59 17 2 7 1 12 0.3 1.3 50 0.01
KL20-05 204 207 3.39 33900 1.14 7.4 121 37 4 118 3 21 0.2 31.0 67 0.01
KL20-05 207 210 1.02 10200 0.34 3.2 173 50 15 240 3 10 1 9.5 124 0.01
KL20-05 210 213 0.57 5700 0.23 1.6 234 45 28 170 3 6 0.9 6.0 120 0.01
KL20-05 213 216 3.57 35700 1.26 11.2 81 27 5 18 9 20 0.01 24.0 57 0.1
KL20-05 216 219 9.83 98300 1.43 22.7 100 28 4 27 38 14 0.01 9.0 167 0.01
KL20-05 219 220.7 5.05 50500 1.18 19.4 1500 2200 1700 25 42 13 6.8 25.0 193 0.42
KL20-05 220.7 222.9 7.88 78800 1.44 48 5750 3300 15000 6 52 47 28 62.0 52 1.65
KL20-05 222.9 226.5 2.5 25000 0.92 5.6 327 105 750 22 9 17 2.8 19.0 172 0.11
KL20-05 226.5 229.5 3.43 34300 1.15 6.5 75 27 40 107 2 16 0.01 16.0 61 0.1
KL20-05 229.5 232.5 9.45 94500 3.46 17.3 76 15 7 640 2 27 0.4 17.5 110 0.22
KL20-05 232.5 235.5 11.4 114000 4.38 19 121 22 15 20 4 56 0.01 25.0 56 0.1
KL20-05 235.5 238.5 10.5 105000 1.97 9.6 123 17 28 93 8 23 0.01 15.0 192 0.01
KL20-05 238.5 241 8.2 82000 2.27 13.6 94 18 20 22 8 17 0.2 15.0 74 0.41
KL20-05 241 243 2.63 26300 0.41 3.8 152 46 170 227 3 10 6.3 7.0 150 0.01
KL20-05 243 246 0.91 9100 0.35 1.7 51 20 36 509 1 7 1.1 11.0 52 0.01
KL20-05 246 248.5 2.74 27400 0.44 5 1030 266 300 590 2 11 26 13.5 67 0.22
KL20-05 248.5 250.5 6.22 62200 20.8 11.2 214 21 30 2830 2 90 0.01 30.0 120 0.01
KL20-05 250.5 252.4 3.26 32600 2.57 4.2 102 14 11 1700 1 53 0.01 18.0 147 0.01
KL20-05 252.4 254.5 11 110000 6.2 8.9 98 11 2 870 1 102 0.01 17.5 76 0.01
KL20-05 254.5 256.8 6.12 61200 3.57 7.4 76 11 1 890 1 100 0.01 10.5 132 0.01
KL20-05 256.8 259.5 1.57 15700 1.28 3.7 99 16 14 79 12 22 0.3 48.6 136 0.01
KL20-05 259.5 262.5 1.15 11500 0.72 5.5 183 20 44 17 37 12 0.5 47.0 61 0.01
KL20-05 262.5 265.5 2.73 27300 2.72 9.5 420 36 34 8 64 14 1.1 40.3 73 0.01
KL20-05 265.5 268.3 1.28 12800 2.2 5.9 670 158 34 162 510 20 3.1 56.3 128 0.1
KL20-05 268.3 271.5 0.39 3900 0.84 5.5 340 334 38 9 830 7 1.6 70.0 76 0.01
KL20-05 271.5 274.5 0.775 7750 3.14 6.7 5400 230 38 208 18 29 0.4 55.6 23 0.01
KL20-05 274.5 277.5 0.357 3570 2.17 4.4 32100 1030 250 6 22 24 2.5 50.6 26 0.01
KL20-05 277.5 279 0.0135 135 0.59 5 3350 4670 300 10 6 4 4.4 11.2 22 0.01
KL20-05 279 281.3 0.0072 72 0.4 0.9 620 306 230 3 2 0.01 1.3 4.0 27 0.01
KL20-05 281.3 283.5 0.0058 58 0.02 0.01 74 51 13 9 2 0.01 0.2 1.3 31 0.01
KL20-05 283.5 286.5 0.0093 93 0.08 1 790 324 31 5 3 0.01 0.4 1.4 15 0.01
KL20-05 286.5 289.5 0.004 40 0.14 0.01 180 70 17 4 0.01 0.01 0.3 1.3 17 0.01
KL20-05 289.5 292.5 0.0047 47 0.04 0.01 364 29 19 3 0.01 0.01 0.01 1.7 18 0.01
KL20-05 292.5 295.5 0.0034 34 0.09 0.01 74 36 40 2 0.01 0.01 0.3 1.8 29 0.01
KL20-05 295.5 298.3 0.0029 29 0.21 1.1 610 317 41 7 1 2 0.8 2.8 23 0.01
KL20-05 298.3 300.8 0.087 870 0.68 33.7 35200 22700 240 55 66 0.01 6.6 38.5 24 0.14
KL20-05 300.8 303.3 0.0092 92 0.18 2.5 820 1090 40 6 2 0.01 1.4 4.8 18 0.01
KL20-05 303.3 306 0.0021 21 0.19 0.01 167 187 29 3 0.01 0.01 0.3 0.0 18 0.01
KL20-05 306 309 0.0015 15 0.03 0.01 140 81 17 3 0.01 0.01 0.5 1.4 15 0.01
KL20-05 309 312 0.0017 17 0.01 0.01 50 46 18 4 1 0.01 0.4 0.0 16 0.01
KL20-05 312 315 0.0018 18 0.02 0.01 95 54 17 3 0.01 0.01 0.5 0.5 18 0.01
KL20-05 315 318 0.0013 13 0.01 0.5 82 78 13 3 0.01 0.01 0.01 0.0 19 0.01
KL20-05 318 319.5 0.0028 28 0.04 0.5 83 95 29 3 0.01 0.01 0.8 0.0 23 0.01
KL20-05 319.5 322.5 0.0029 29 0.04 1.8 368 49 22 5 0.01 2 0.6 0.0 16 0.01
KL20-05 322.5 325.5 0.0032 32 0.01 0.01 90 67 22 2 0.01 2 0.6 0.0 17 0.01
KL20-05 325.5 328.5 0.002 20 0.01 0.01 114 102 21 3 0.01 0.01 0.4 0.0 18 0.01



Appendix V - 55 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-05 328.5 331.5 0.0076 76 0.01 0.01 149 32 18 7 5 0.01 0.01 1.3 14 0.01
KL20-05 331.5 334.5 0.0022 22 0.01 0.01 102 37 16 8 0.01 0.01 0.4 0.8 16 0.01
KL20-05 334.5 337.5 0.0021 21 0.01 0.01 73 18 16 3 0.01 2 0.01 0.6 14 0.01
KL20-05 337.5 340.5 0.0037 37 0.01 0.01 52 10 21 3 0.01 0.01 0.01 0.7 12 0.01
KL20-05 340.5 343.5 0.0023 23 0.01 0.01 31 20 19 3 0.01 0.01 0.01 0.6 0 0.01
KL20-05 343.5 346.5 0.0049 49 0.02 0.01 107 13 29 3 0.01 0.01 0.01 0.6 11 0.01
KL20-05 346.5 349.5 0.0063 63 0.02 0.01 127 23 29 4 1 0.01 0.5 0.6 8 0.01
KL20-05 349.5 352.5 0.0107 107 0.01 0.01 193 14 21 7 1 2 0.8 0.0 10 0.01
KL20-05 352.5 355.5 0.0087 87 0.02 0.01 133 16 26 6 0.01 3 0.5 1.0 13 0.01
KL20-05 355.5 358.5 0.0049 49 0.01 0.01 81 7 26 59 0.01 0.01 0.01 0.9 11 0.01
KL20-05 358.5 361.5 0.005 50 0.01 0.01 90 16 23 6 1 0.01 0.01 1.0 8 0.01
KL20-05 361.5 363 0.0076 76 0.02 0.01 118 14 25 7 1 2 0.01 1.2 8 0.01
KL20-05 363 366 0.0034 34 0.01 0.01 72 16 18 4 1 0.01 0.01 0.7 8 0.01
KL20-05 366 369 0.0036 36 0.01 0.01 80 30 19 5 2 0.01 0.01 0.8 10 0.01
KL20-05 369 372 0.0034 34 0.01 0.01 112 26 16 3 1 2 0.01 0.8 12 0.01
KL20-05 372 375 0.0048 48 0.01 0.01 78 38 13 13 2 0.01 0.4 1.0 11 0.01
KL20-05 375 378 0.0058 58 0.05 0.01 100 46 14 8 3 3 1 0.9 15 0.01
KL20-05 378 381 0.0079 79 0.02 0.01 119 17 21 0.01 0.01 2 0.2 0.0 12 0.01
KL20-05 381 384 0.0055 55 0.02 0.01 81 30 17 3 0.01 2 0.3 2.1 14 0.11
KL20-05 384 387 0.003 30 0.01 0.01 30 13 15 0.01 0.01 3 0.01 0.0 17 0.01
KL20-05 387 390 0.0036 36 0.01 0.01 36 12 16 0.01 0.01 0.01 0.2 0.0 21 0.01
KL20-05 390 393 0.0026 26 0.02 0.01 28 10 12 0.01 0.01 3 1 0.0 16 0.01
KL20-05 393 396 0.0054 54 0.02 0.01 85 10 8 5 0.01 2 0.2 0.0 13 0.01
KL20-05 396 399 0.0067 67 0.01 0.01 54 12 13 9 0.01 2 0.6 0.0 14 0.01
KL20-05 399 402 0.0065 65 0.02 0.01 61 45 17 13 0.01 0.01 1.6 1.1 11 0.01
KL20-05 402 405 0.017 170 0.05 0.5 530 30 25 7 4 2 0.6 1.0 12 0.01
KL20-05 405 408 0.04 400 0.02 0.9 750 38 13 7 7 2 1.3 2.0 16 0.01
KL20-05 408 411 0.0385 385 0.02 0.9 510 41 12 4 5 0.01 0.4 2.5 12 0.01
KL20-05 411 414 0.0241 241 0.03 0.8 560 50 19 5 4 4 0.5 3.0 12 0.01
KL20-05 414 417 0.0067 67 0.01 0.01 59 16 14 3 1 0.01 0.01 1.2 13 0.01
KL20-05 417 420 0.0124 124 0.02 0.5 271 74 20 5 2 2 0.3 1.7 11 0.01
KL20-05 420 423 0.0127 127 0.01 0.01 94 51 24 5 2 2 0.5 0.9 13 0.01
KL20-05 423 426 0.008 80 0.05 0.01 39 31 29 3 0.01 2 0.6 1.2 22 0.01
KL20-05 426 429 0.0035 35 0.03 0.01 18 15 30 3 0.01 2 0.4 2.1 17 0.01
KL20-05 429 432 0.0032 32 0.01 0.01 14 11 37 0.01 0.01 0.01 0.4 3.0 11 0.01
KL20-05 432 433.5 0.043 430 0.05 0.5 58 24 38 22 0.01 3 0.3 3.8 45 0.01
KL20-06 0 3 0.0064 64 0.06 3.6 359 194 9 5 0.01 0.01 2.2 3.8 25 0.01
KL20-06 3 6 0.0026 26 0.06 1.4 229 130 8 2 0.01 0.01 0.6 1.7 24 0.01
KL20-06 6 8.5 0.0011 11 0.02 0.6 182 120 2 3 0.01 0.01 0.01 0.9 28 0.01
KL20-06 8.5 11.8 0.0012 12 0.02 0.01 66 99 1 4 0.01 0.01 0.4 1.4 26 0.01
KL20-06 11.8 14.1 0.0042 42 0.02 0.01 69 60 2 3 0.01 0.01 0.5 2.3 28 0.01
KL20-06 14.1 16.3 0.0021 21 0.03 1.1 360 228 2 3 0.01 0.01 0.7 4.7 26 0.01
KL20-06 16.3 19.4 0.001 10 0.02 0.01 140 88 2 4 0.01 0.01 0.4 2.0 28 0.01
KL20-06 19.4 22.5 0.001 10 0.02 0.01 91 90 1 3 0.01 0.01 0.6 1.4 28 0.01
KL20-06 22.5 25.5 0.0026 26 0.01 1.1 148 1010 3 3 0.01 2 1.4 2.4 27 0.01
KL20-06 25.5 28.5 0.0012 12 0.02 0.01 113 113 1 2 0.01 0.01 0.2 1.8 35 0.01
KL20-06 28.5 31.5 0.0008 8 0.01 0.01 34 69 1 8 0.01 0.01 0.2 1.1 33 0.01
KL20-06 31.5 34.5 0.0012 12 0.01 1 1570 930 1 13 0.01 0.01 1.2 5.8 36 0.01
KL20-06 34.5 37.5 0.0009 9 0.01 0.01 540 285 2 2 0.01 2 0.2 1.1 31 0.01
KL20-06 37.5 40.5 0.0007 7 0.01 0.01 256 127 2 2 0.01 2 0.9 0.7 36 0.01
KL20-06 40.5 45 0.0013 13 0.04 0.7 222 218 5 8 0.01 0.01 1 4.1 36 0.01
KL20-06 45 48 0.0042 42 0.02 0.01 166 148 2 13 0.01 2 0.4 1.0 42 0.01
KL20-06 48 51 0.0013 13 0.03 0.01 322 79 3 14 0.01 2 0.4 0.9 41 0.01
KL20-06 51 54.7 0.0019 19 0.02 0.8 610 247 3 7 0.01 0.01 0.5 1.0 31 0.01
KL20-06 54.7 57.8 0.0024 24 0.01 1.3 303 282 5 10 0.01 0.01 0.7 1.7 16 0.01
KL20-06 57.8 61 0.0041 41 0.04 4.2 3700 2800 9 9 0.01 2 2.8 8.5 18 0.01
KL20-06 61 64.2 0.0039 39 0.01 1.5 326 286 9 13 0.01 2 1.8 2.2 18 0.01
KL20-06 64.2 67.4 0.0028 28 0.01 1.4 358 640 6 12 0.01 2 0.7 4.7 17 0.01
KL20-06 67.4 70.5 0.0021 21 0.01 1.2 420 428 5 17 0.01 0.01 0.3 3.0 16 0.01
KL20-06 70.5 73.5 0.0016 16 0.01 0.8 355 311 4 14 0.01 0.01 0.3 1.8 17 0.01
KL20-06 73.5 76.5 0.0015 15 0.01 0.01 140 240 5 12 0.01 0.01 0.01 2.5 18 0.01
KL20-06 76.5 79.5 0.0013 13 0.01 0.5 113 227 4 7 0.01 0.01 0.01 1.6 20 0.01
KL20-06 79.5 82.5 0.0014 14 0.01 1.1 115 128 7 6 0.01 0.01 0.3 1.2 15 0.01



Appendix V - 56 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-06 82.5 85.5 0.0013 13 0.01 1.2 164 141 4 4 0.01 0.01 0.5 1.3 15 0.01
KL20-06 85.5 88.5 0.0012 12 0.01 2 369 670 3 3 0.01 0.01 0.7 4.6 11 0.01
KL20-06 88.5 91.5 0.0016 16 0.01 1.1 231 340 4 15 0.01 0.01 0.2 3.2 14 0.01
KL20-06 91.5 94.5 0.0016 16 0.01 0.8 148 199 4 4 0.01 0.01 0.3 2.0 18 0.01
KL20-06 94.5 96.7 0.0009 9 0.02 1.2 170 224 11 5 0.01 0.01 0.8 1.8 15 0.01
KL20-06 96.7 99 0.0021 21 0.02 3.6 163 170 9 5 0.01 0.01 1.2 3.0 21 0.01
KL20-06 99 102 0.0244 244 0.13 103 30800 15400 36 4 0.01 0.01 81 28.5 20 0.01
KL20-06 102 105 0.0048 48 0.03 3.1 1850 1520 10 24 0.01 0.01 2.1 4.3 13 0.01
KL20-06 105 108 0.0093 93 0.02 1.3 363 750 5 6 0.01 2 1.2 2.0 26 0.01
KL20-06 108 111 0.0091 91 0.02 3 2000 2030 6 5 0.01 0.01 2.5 3.0 24 0.01
KL20-06 111 114 0.0028 28 0.02 1.3 690 1180 11 9 0.01 2 1.9 5.6 20 0.01
KL20-06 114 116.7 0.0102 102 0.05 3.2 3500 6000 9 33 3 2 1.1 58.8 22 0.01
KL20-06 116.7 119.8 0.0063 63 0.02 6 4400 4100 21 15 0.01 2 5.6 10.1 22 0.01
KL20-06 119.8 122.9 0.0062 62 0.02 2.4 830 1440 16 22 3 0.01 1.1 7.7 16 0.01
KL20-06 122.9 126 0.0132 132 0.08 3.7 2500 2600 9 50 26 2 0.7 17.4 16 0.01
KL20-06 126 129 0.0101 101 0.07 4.2 1060 1590 8 43 41 0.01 0.7 15.8 14 0.01
KL20-06 129 132 0.0139 139 0.13 3 1190 2010 15 17 14 2 0.6 36.5 15 0.01
KL20-06 132 135 0.024 240 0.14 6.4 3400 1650 37 48 4 3 1.1 14.5 19 0.01
KL20-06 135 138 0.053 530 0.15 4.7 4300 1560 12 7 2 2 1.6 19.3 15 0.1
KL20-06 138 141 0.0032 32 0.13 2.3 480 550 14 3 1 2 1.1 13.7 13 0.01
KL20-06 141 144 0.063 630 0.25 6.8 1910 1650 150 81 17 4 6.3 14.2 32 0.1
KL20-06 144 147 0.093 930 0.28 4.9 2700 1840 27 63 25 4 2.1 19.0 31 0.01
KL20-06 147 150 0.0374 374 0.17 6.8 4800 19200 25 306 21 2 2.2 48.8 22 0.01
KL20-06 150 153 0.0328 328 0.08 2 1880 1290 20 53 16 0.01 0.6 7.4 14 0.01
KL20-06 153 156 0.087 870 0.18 5.7 6500 2760 22 132 62 5 0.9 16.5 24 0.01
KL20-06 156 159 0.0302 302 0.12 5 3000 2300 40 76 34 2 2.6 6.6 22 0.12
KL20-06 159 162.5 0.045 450 0.1 1.6 1290 620 11 18 9 4 0.4 4.0 15 0.01
KL20-06 162.5 165.5 0.0288 288 0.06 1 590 570 16 8 7 3 0.3 3.5 16 0.01
KL20-06 165.5 168.5 0.051 510 0.06 0.8 870 204 29 9 6 2 1.4 3.8 14 0.01
KL20-06 168.5 170.6 0.098 980 0.17 0.9 2900 202 31 17 11 5 0.8 8.0 14 0.1
KL20-06 170.6 174 0.168 1680 0.35 1.8 3100 162 35 24 14 7 1.1 12.7 22 0.01
KL20-06 174 177 0.142 1420 0.27 2.5 2900 1040 20 7 18 4 0.6 31.0 16 0.01
KL20-06 177 179.2 0.4 4000 0.48 2.8 1890 48 61 49 14 13 3.2 15.7 55 0.11
KL20-06 179.2 181.5 0.31 3100 0.45 2.7 7000 46 31 35 20 14 0.5 49.0 33 0.01
KL20-06 181.5 184.5 0.79 7900 1.68 8.8 3400 294 890 830 38 16 56 49.0 227 0.23
KL20-06 184.5 187.5 0.36 3600 0.75 4.4 620 110 410 790 14 8 19.3 22.6 303 0.1
KL20-06 187.5 190.5 0.33 3300 0.5 4.5 820 394 280 382 8 11 5.6 7.9 256 0.01
KL20-06 190.5 192.3 0.63 6300 0.52 2.1 192 76 100 1380 5 10 3.1 11.6 270 0.01
KL20-06 192.3 194.7 1.12 11200 1.38 2.4 470 15 9 190 2 31 1.3 20.2 45 0.01
KL20-06 194.7 196.5 0.133 1330 0.66 1 388 38 33 140 298 10 1.4 14.8 43 0.01
KL20-06 196.5 199.5 0.34 3400 0.22 0.9 274 22 28 530 2 10 1.3 42.3 38 0.01
KL20-06 199.5 202.5 0.82 8200 0.5 1.3 610 42 25 890 3 23 1.9 12.7 49 0.01
KL20-06 202.5 205.4 0.48 4800 1.33 10.5 5850 2500 370 2260 37 17 6.1 43.5 127 0.01
KL20-06 205.4 208.5 1.89 18900 1.16 4.9 980 229 51 2100 9 40 3.3 8.1 58 0.1
KL20-06 208.5 211.5 0.51 5100 0.52 1.5 430 78 57 580 6 22 2.9 13.1 52 0.1
KL20-06 211.5 214.5 0.93 9300 0.82 4.1 3000 1320 210 2200 11 25 5.8 28.0 98 0.01
KL20-06 214.5 217.5 0.28 2800 0.64 2.5 480 162 260 1360 4 14 3.3 11.6 95 0.1
KL20-06 217.5 220.5 1.13 11300 1.23 20 10700 9900 1170 1070 35 20 14 22.6 211 1.04
KL20-06 220.5 223.5 0.48 4800 0.43 1.4 1580 88 39 5000 7 15 1.5 11.8 109 0.01
KL20-06 223.5 226.5 1 10000 0.55 2.1 3800 50 36 4600 16 14 0.7 20.4 68 0.01
KL20-06 226.5 228.9 0.59 5900 0.53 2.2 7100 44 50 4300 10 12 0.4 21.0 57 0.01
KL20-06 228.9 231.9 1.5 15000 2.07 10.8 29700 77 110 2300 12 31 1.8 32.7 78 0.01
KL20-06 231.9 234.9 1.63 16300 4.55 6.6 63000 39 34 293 80 43 0.5 83.8 53 0.01
KL20-06 234.9 237.9 0.71 7100 3.37 3.5 22000 142 34 226 3 32 1.5 30.8 135 0.01
KL20-06 237.9 240.9 0.8 8000 3.91 4.8 1960 46 31 128 3 36 1.5 8.0 130 0.01
KL20-06 240.9 243.9 1 10000 1.26 1.4 920 20 11 460 1 36 0.7 21.4 18 0.01
KL20-06 243.9 246.9 0.92 9200 0.84 3.1 2400 1330 100 279 1 32 6.5 22.0 32 0.01
KL20-06 246.9 249.9 0.68 6800 1.08 1.4 333 23 21 388 1 31 0.8 38.8 76 0.01
KL20-06 249.9 252.9 1.34 13400 1.85 2.7 2000 30 7 232 1 43 0.8 67.5 47 0.01
KL20-06 252.9 255.9 1.66 16600 1.31 1 900 13 2 430 2 68 0.01 21.5 19 0.01
KL20-06 255.9 258.9 0.77 7700 1.54 1.3 8000 33 10 42 2 60 0.01 22.6 21 0.01
KL20-06 258.9 261.9 1.2 12000 2.1 1.4 1490 47 24 36 2 54 0.01 19.4 27 0.2
KL20-06 261.9 264.9 0.71 7100 5.42 12.7 23100 3300 610 17 19 61 20.3 42.5 39 0.68



Appendix V - 57 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-06 264.9 267.9 1.09 10900 2.39 9.4 3500 1450 41 116 1 63 14 39.2 50 0.01
KL20-06 267.9 270.9 1.11 11100 2.61 2.6 670 107 170 9 1 70 3.8 12.6 46 0.01
KL20-06 270.9 273 0.9 9000 1.88 3.1 6500 138 340 172 4 136 0.9 14.8 32 0.01
KL20-06 273 276 0.078 780 0.34 3 3300 311 62 8 244 2 1.8 4.3 30 0.15
KL20-06 276 279 0.0121 121 0.2 0.5 930 163 37 9 8 0.01 0.3 1.4 27 0.01
KL20-06 279 282 0.0095 95 0.11 0.01 1660 386 42 4 9 0.01 0.3 1.3 20 0.01
KL20-06 282 285 0.0241 241 0.18 1 2400 480 71 9 5 2 1.5 3.5 27 0.18
KL20-06 285 288 0.0282 282 0.22 3.6 2800 2050 64 8 17 3 1.4 7.5 24 0.01
KL20-06 288 291 0.6 6000 0.46 8.1 5900 1150 250 31 11 30 6.3 10.1 41 0.17
KL20-06 291 294 0.061 610 0.21 3.2 2200 2200 63 17 13 5 3 29.5 30 0.01
KL20-06 294 297 0.0104 104 0.08 1.7 830 1040 26 10 7 0.01 0.7 6.8 21 0.01
KL20-06 297 300 0.0197 197 0.14 2.8 1670 2200 21 28 20 0.01 1 5.0 22 0.01
KL20-06 300 303 0.027 270 0.28 4 12000 680 31 27 132 2 1.6 30.5 27 0.01
KL20-06 303 306 0.0247 247 0.17 2.4 3500 670 92 26 32 2 3.8 7.6 24 0.01
KL20-06 306 309 0.0144 144 0.12 1.8 320 770 62 15 20 2 1.9 9.3 23 0.01
KL20-06 309 312 0.0351 351 0.15 38.9 14600 22000 63 19 17 2 40 185.0 25 0.01
KL20-06 312 315 0.135 1350 0.12 8.8 5800 1450 50 29 35 12 1.8 22.0 36 0.01
KL20-06 315 318 0.166 1660 0.21 7.7 9900 3990 310 38 33 17 9.7 33.8 118 0.01
KL20-06 318 321 0.067 670 0.32 8.2 9300 4500 270 77 36 15 5.5 66.3 130 0.01
KL20-06 321 324 0.197 1970 0.36 13.4 34200 5700 34 29 43 14 1.4 141.0 44 0.01
KL20-06 324 327 0.32 3200 1.95 120 47900 11700 200 14 1050 22 6.1 770.0 54 0.01
KL20-06 327 330 0.176 1760 0.56 51.5 14700 8400 48 13 320 11 1.8 345.0 48 0.01
KL20-06 330 333 0.0388 388 0.22 10.6 9200 1210 29 11 72 3 0.5 80.0 26 0.01
KL20-06 333 336 0.0295 295 0.3 5.2 5700 2110 28 6 24 2 0.8 26.6 23 0.01
KL20-06 336 339 0.035 350 0.32 2.3 780 130 22 8 9 2 0.2 7.8 21 0.01
KL20-06 339 342 0.0107 107 0.1 1 590 114 16 9 25 2 0.3 10.1 18 0.01
KL20-06 342 345 0.083 830 0.27 3.9 1860 610 30 25 59 10 0.4 14.0 55 0.01
KL20-06 345 348 0.0317 317 0.23 2.5 338 212 11 8 13 3 0.01 6.8 21 0.01
KL20-06 348 351 0.0083 83 0.04 3.1 296 540 8 27 32 0.01 0.2 13.6 19 0.01
KL20-06 351 354 0.048 480 0.04 1.3 490 233 97 25 18 2 3.8 2.6 16 0.01
KL20-06 354 357 0.0047 47 0.04 1 430 222 7 25 5 0.01 0.01 1.6 27 0.01
KL20-06 357 360 0.0074 74 0.04 0.01 327 146 11 32 4 0.01 0.2 1.7 24 0.01
KL20-06 360 363 0.0127 127 0.03 0.9 800 122 11 70 26 3 0.5 2.7 33 0.01
KL20-06 363 366 0.0072 72 0.02 0.01 292 56 3 56 2 0.01 0.2 1.8 30 0.01
KL20-06 366 369 0.0147 147 0.03 0.6 201 48 2 112 2 2 0.01 2.3 41 0.01
KL20-06 369 372 0.0032 32 0.02 0.01 304 145 5 21 1 0.01 0.4 2.0 25 0.01
KL20-06 372 375 0.0015 15 0.03 0.01 109 63 4 5 1 0.01 0.2 1.7 29 0.01
KL20-06 375 378 0.0095 95 0.01 0.01 111 69 5 7 0.01 2 0.01 0.8 27 0.01
KL20-06 378 381 0.047 470 0.03 1.4 770 680 9 16 42 4 0.7 18.6 17 0.01
KL20-06 381 384 0.0021 21 0.01 0.01 76 39 7 2 1 2 0.3 1.4 14 0.01
KL20-06 384 387 0.0026 26 0.02 0.01 119 60 3 5 1 3 0.01 2.5 29 0.01
KL20-06 387 390 0.004 40 0.01 0.01 117 24 13 4 0.01 2 0.01 0.0 15 0.01
KL20-06 390 393 0.0039 39 0.06 0.01 114 54 15 5 6 0.01 0.8 3.3 27 0.01
KL20-06 393 396 0.0032 32 0.1 0.9 990 450 19 5 0.01 0.01 0.9 6.5 33 0.01
KL20-06 396 399 0.0013 13 0.06 0.01 64 39 4 2 0.01 0.01 0.2 1.5 28 0.01
KL20-06 399 402 0.0026 26 0.05 0.01 116 34 2 4 0.01 2 0.4 1.1 22 0.01
KL20-06 402 405 0.0124 124 0.1 4.9 10100 7900 39 3 0.01 3 5 33.8 23 0.01
KL20-06 405 409.5 0.0061 61 0.05 0.01 870 172 11 2 1 3 0.7 3.2 25 0.01
KL20-07 123 126
KL20-07 126 129
KL20-07 129 132
KL20-07 132 135
KL20-07 135 138
KL20-07 138 140.3
KL20-07 140.3 144
KL20-07 144 147.3
KL20-07 147.3 149.1
KL20-07 149.1 153
KL20-07 153 156 0.0013 13 0.01 0.01 28 19 0.01 0.01 0.01 0.01 0.3 0.0 6 0.01
KL20-07 156 159
KL20-07 159 162
KL20-07 162 165
KL20-07 165 168



Appendix V - 58 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-07 168 171
KL20-07 171 174
KL20-07 174 177
KL20-07 177 180
KL20-07 180 183
KL20-07 183 186
KL20-07 186 189
KL20-07 189 192
KL20-07 192 195
KL20-07 195 198.6
KL20-07 198.6 202.7
KL20-07 202.7 204.8
KL20-07 204.8 207.8
KL20-07 207.8 210.8
KL20-07 210.8 213.8
KL20-07 213.8 216.8
KL20-07 216.8 219.8
KL20-07 219.8 223 0.0004 4 0.01 0.01 11 7 0.01 0.01 0.01 0.01 0.01 0.0 12 0.01
KL20-07 235 238.4 0.0007 7 0.01 0.01 13 7 5 0.01 0.01 0.01 0.01 0.0 0 0.01
KL20-07 238.4 242.2 0.0005 5 0.01 0.01 7 8 4 0.01 0.01 0.01 0.01 0.0 0 0.01
KL20-07 242.2 246 0.0005 5 0.01 0.01 13 6 5 0.01 0.01 0.01 0.01 0.0 0 0.01
KL20-07 246 249
KL20-07 249 252
KL20-07 252 255 0.0007 7 0.01 0.01 4 8 5 0.01 0.01 0.01 0.01 0.7 0 0.01
KL20-07 255 258
KL20-07 258 264
KL20-07 264 267
KL20-07 267 270
KL20-07 270 273
KL20-07 273 276
KL20-07 276 279
KL20-07 279 282
KL20-07 282 285
KL20-07 285 288
KL20-07 288 291
KL20-07 291 294
KL20-07 294 297
KL20-07 297 300
KL20-07 300 303
KL20-07 303 306
KL20-07 306 309
KL20-07 309 312
KL20-07 312 315
KL20-07 315 318
KL20-07 318 321
KL20-07 321 324
KL20-07 324 327
KL20-07 327 330
KL20-07 330 333
KL20-07 333 336
KL20-07 336 339
KL20-07 339 342
KL20-07 342 345
KL20-07 345 348
KL20-07 348 351
KL20-07 351 354
KL20-07 354 357
KL20-07 357 360
KL20-07 360 363
KL20-07 363 366
KL20-07 366 369
KL20-07 369 372
KL20-07 372 375



Appendix V - 59 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-07 375 378
KL20-07 378 381
KL20-07 381 384
KL20-07 384 387
KL20-07 387 389.4 1.51 15100 1.65 1.9 95 9 1 7 0.01 21 0.01 5.0 55 0.01
KL20-08 270 273 1.39 13900 1.09 3.7 191 13 7 100 1 38 0.01 7.8 28 0.01
KL20-08 273 276 1.79 17900 1.44 4.7 150 12 2 60 3 17 0.01 16.2 36 0.01
KL20-08 276 279 1.14 11400 0.76 2.9 97 9 1 40 1 16 0.01 8.0 30 0.01
KL20-08 279 282 2.75 27500 7.64 6.7 124 11 0.01 70 4 47 0.01 13.7 24 0.01
KL20-08 282 285 1.14 11400 0.8 2.5 101 17 4 985 1 15 0.01 4.2 67 0.01
KL20-08 285 288 1.4 14000 1.14 2.5 91 13 2 633 0.01 27 0.01 5.0 72 0.01
KL20-08 288 291 1.21 12100 0.69 3 110 13 3 1100 0.01 27 0.01 7.5 84 0.01
KL20-08 291 294 1.5 15000 1.2 3.9 266 53 3 223 0.01 35 0.01 9.0 83 0.01
KL20-08 294 297 0.82 8200 0.6 3 97 51 2 106 0.01 29 0.01 6.8 87 0.01
KL20-08 297 300 0.7 7000 0.33 3.9 3600 1710 12 106 3 8 1.3 4.6 77 0.01
KL20-08 300 303.2 0.64 6400 1.4 1.2 69 16 1 32 1 8 0.01 5.5 83 0.01
KL20-08 303.2 306 0.55 5500 0.47 1 65 12 2 193 0.01 11 0.01 3.8 89 0.01
KL20-08 306 309 0.68 6800 0.49 1.8 53 10 3 107 0.01 16 0.01 4.3 88 0.01
KL20-08 309 312 0.69 6900 0.18 2.3 316 91 12 191 0.01 15 1 5.2 90 0.01
KL20-08 312 315 0.85 8500 0.62 2 295 95 3 365 1 14 0.7 6.0 69 0.01
KL20-08 315 318 0.97 9700 0.83 2.4 75 11 3 210 0.01 19 0.6 4.8 81 0.01
KL20-08 318 321 0.79 7900 0.73 1.1 63 16 1 90 0.01 15 0.8 5.6 73 0.01
KL20-08 321 324 0.91 9100 0.91 1.6 120 22 4 39 2 16 0.01 5.6 72 0.01
KL20-08 324 327 0.68 6800 0.68 1.1 45 8 1 50 1 14 0.2 5.6 64 0.01
KL20-08 327 330 0.81 8100 0.5 1.4 70 10 3 69 0.01 17 0.01 5.0 61 0.01
KL20-08 330 333 0.85 8500 0.44 2.3 84 11 2 75 0.01 14 0.01 4.6 84 0.01
KL20-08 333 336 0.71 7100 1.3 1.1 86 10 2 121 0.01 17 0.01 4.4 98 0.01
KL20-08 336 339 0.82 8200 0.6 2 67 7 5 243 0.01 19 0.3 7.2 74 0.01
KL20-08 339 342 0.97 9700 0.64 1.8 81 6 1 298 0.01 12 0.01 6.4 61 0.01
KL20-08 342 345 0.94 9400 0.53 2.1 68 8 2 166 0.01 15 0.01 5.8 73 0.01
KL20-08 345 348 0.71 7100 0.41 1.5 61 9 1 363 0.01 21 0.01 5.4 60 0.01
KL20-08 348 351 0.72 7200 0.48 1.4 54 8 2 148 0.01 19 0.01 6.7 68 0.01
KL20-08 351 354 0.486 4860 0.4 1 65 11 0.01 165 0.01 13 0.01 5.1 57 0.01
KL20-08 354 357 0.79 7900 0.44 1.6 83 12 4 196 0.01 14 0.2 5.6 68 0.01
KL20-08 357 360 0.96 9600 0.65 2.5 84 12 3 19 0.01 15 0.01 5.2 67 0.01
KL20-08 360 363 1.05 10500 0.88 3.1 1410 27 0.01 23 0.01 17 0.2 5.4 73 0.01
KL20-08 363 366 0.85 8500 0.6 3.6 223 48 18 20 1 12 2.9 4.7 68 0.01
KL20-08 366 369 0.79 7900 0.63 1.4 75 10 0.01 12 0.01 14 0.01 9.5 64 0.01
KL20-08 369 372 1.2 12000 0.91 2.3 132 18 6 13 1 13 0.3 6.0 62 0.01
KL20-08 372 375 0.68 6800 0.49 1.9 64 12 1 143 0.01 17 0.2 3.8 70 0.01
KL20-08 375 378 1.04 10400 0.85 2.6 79 12 67 67 0.01 12 0.8 4.2 68 0.01
KL20-08 378 381 1.02 10200 0.8 1.4 84 15 64 202 0.01 14 1 3.3 70 0.01
KL20-08 381 385 0.97 9700 0.88 3.2 166 20 68 12 0.01 21 2.7 6.4 51 0.01
KL20-08 385 389 0.9 9000 0.73 2.6 73 10 5 4 0.01 13 0.01 4.6 59 0.01
KL20-08 389 391.9 1.71 17100 1.25 3.2 118 12 5 4 0.01 22 0.01 5.0 53 0.01
KL20-08 391.9 394.8 2 20000 3.24 7.1 404 29 1150 17 1 17 50 11.3 59 0.18
KL20-08 394.8 398.2 0.94 9400 0.56 3.4 108 24 85 22 2 6 19.9 4.2 45 0.01
KL20-08 398.2 401.7 0.381 3810 0.48 0.9 41 10 7 13 0.01 6 0.01 3.3 58 0.01
KL20-08 401.7 405 0.473 4730 0.27 1.2 46 29 4 14 0.01 5 0.01 3.4 38 0.01
KL20-08 405 408 0.26 2600 0.16 1 38 12 2 18 0.01 8 0.2 2.9 50 0.01
KL20-08 408 411.3 0.41 4100 0.36 0.9 45 16 2 8 0.01 7 0.3 2.8 42 0.01
KL20-08 411.3 414.2 0.56 5600 0.57 1.3 55 17 25 15 0.01 5 1.3 2.5 40 0.01
KL20-08 414.2 417 0.38 3800 0.4 1 54 11 3 13 0.01 12 0.2 4.1 60 0.01
KL20-08 417 420 0.443 4430 0.29 1.3 146 32 41 26 1 9 1.7 3.6 87 0.01
KL20-08 420 423 0.55 5500 0.29 1.4 42 12 63 32 0.01 7 0.8 2.7 67 0.01
KL20-08 423 426 0.93 9300 1.01 2.4 42 7 2 28 2 13 0.01 5.1 87 0.01
KL20-08 426 429 0.45 4500 0.35 1.2 30 6 19 19 0.01 6 0.01 2.3 42 0.01
KL20-08 429 432 0.37 3700 0.21 1.4 99 23 3 21 0.01 6 0.3 2.1 57 0.01
KL20-08 432 435 0.406 4060 0.25 1.1 76 28 8 14 0.01 8 0.4 2.7 58 0.01
KL20-08 435 438 0.87 8700 0.68 1.9 79 22 160 15 1 6 2.3 4.8 44 0.01
KL20-08 438 441 0.69 6900 0.51 1.1 40 15 12 31 0.01 6 0.2 5.0 85 0.01
KL20-08 441 444 0.525 5250 0.44 0.9 26 12 1 15 0.01 5 0.01 1.8 84 0.01
KL20-08 444 446.8 0.54 5400 0.42 1.2 24 10 2 19 0.01 6 0.4 3.5 100 0.01



Appendix V - 60 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-08 446.8 449.8 0.515 5150 0.43 1.2 45 7 2 30 0.01 5 0.01 4.0 86 0.01
KL20-08 449.8 452.9 0.54 5400 0.17 1 60 30 3 18 0.01 5 0.01 3.0 76 0.01
KL20-08 452.9 456 0.645 6450 0.67 1.4 40 22 1 25 1 4 0.01 3.5 74 0.01
KL20-08 456 459 0.44 4400 0.41 0.9 39 17 3 11 0.01 3 0.01 3.0 298 0.01
KL20-08 459 462 0.3 3000 0.3 0.01 40 15 1 22 0.01 0.01 0.01 1.8 43 0.01
KL20-08 462 465 0.665 6650 0.58 0.7 33 17 3 51 1 4 0.2 6.5 89 0.01
KL20-08 465 468.3 0.81 8100 0.88 1.2 43 15 2 15 1 7 0.01 5.8 229 0.01
KL20-09 0 3.2 0.0097 97 0.02 1.2 266 151 4 12 0.01 0.01 0.5 3.3 28 0.01
KL20-09 3.2 6.4 0.0023 23 0.05 3.2 81 46 7 7 0.01 0.01 1 3.4 33 0.01
KL20-09 6.4 10 0.002 20 0.12 4 271 228 15 6 0.01 0.01 1.2 7.1 28 0.01
KL20-09 10 13 0.002 20 0.09 2.2 45 66 9 4 0.01 0.01 1 5.6 16 0.01
KL20-09 13 16 0.0043 43 1.13 5.8 120 107 200 9 0.01 3 3.2 3.6 22 0.01
KL20-09 16 19 0.0026 26 0.88 2.8 60 43 44 8 0.01 0.01 2.2 2.6 21 0.01
KL20-09 19 22 0.0021 21 0.15 3.9 62 25 14 7 0.01 2 1 3.2 20 0.01
KL20-09 22 25 0.006 60 0.07 1.8 91 71 7 3 0.01 0.01 0.2 2.5 23 0.01
KL20-09 25 28 0.0012 12 0.11 1.7 87 66 2 2 0.01 0.01 0.4 1.2 24 0.01
KL20-09 28 31 0.0024 24 0.04 11.3 490 660 4 6 0.01 2 1.4 2.4 26 0.01
KL20-09 31 34 0.0025 25 0.01 2.2 278 244 4 4 0.01 0.01 0.8 2.3 34 0.01
KL20-09 34 37 0.0024 24 0.01 0.01 130 110 1 5 0.01 0.01 0.5 0.8 25 0.01
KL20-09 37 40 0.0013 13 0.01 1 90 153 7 3 0.01 0.01 0.3 0.9 19 0.01
KL20-09 40 43 0.0019 19 0.01 1.5 650 330 5 3 0.01 0.01 0.8 2.1 28 0.01
KL20-09 43 46 0.001 10 0.01 0.6 154 570 3 3 0.01 0.01 0.7 1.6 26 0.01
KL20-09 46 49 0.0008 8 0.01 0.5 153 240 15 2 0.01 0.01 0.3 1.4 23 0.01
KL20-09 49 52 0.0022 22 0.01 2.8 159 278 9 3 0.01 0.01 0.5 3.3 19 0.01
KL20-09 52 55 0.0011 11 0.01 1.4 250 106 3 4 0.01 0.01 0.01 1.1 28 0.01
KL20-09 55 58 0.0015 15 0.01 4.1 273 183 7 4 0.01 0.01 0.8 2.3 25 0.01
KL20-09 58 61 0.0011 11 0.01 1.3 263 180 3 2 0.01 0.01 0.4 1.4 27 0.01
KL20-09 61 64 0.0004 4 0.01 0.6 68 278 0.01 3 0.01 0.01 0.2 1.2 31 0.01
KL20-09 64 67 0.0011 11 0.01 7.8 1010 279 8 0.01 0.01 0.01 0.6 6.7 15 0.01
KL20-09 67 70 0.0018 18 0.01 16.7 175 67 14 9 0.01 0.01 0.8 2.3 15 0.01
KL20-09 70 73 0.0013 13 0.01 3.7 119 60 11 11 0.01 0.01 0.8 0.6 16 0.01
KL20-09 73 76 0.0014 14 0.01 16.1 590 344 12 5 0.01 0.01 2.1 2.3 12 0.01
KL20-09 76 79 0.0041 41 0.01 36.5 4400 2275 25 2 0.01 0.01 4.7 8.2 15 0.01
KL20-09 79 82 0.001 10 0.01 3.2 1180 690 6 4 0.01 0.01 0.8 2.4 16 0.01
KL20-09 82 85 0.0007 7 0.01 1.1 243 206 6 3 0.01 0.01 0.01 0.8 19 0.01
KL20-09 85 88 0.0008 8 0.01 0.7 206 205 7 2 0.01 0.01 0.3 1.3 13 0.01
KL20-09 88 91 0.0015 15 0.01 1.8 650 440 11 0.01 0.01 0.01 0.2 2.3 11 0.01
KL20-09 91 94 0.0015 15 0.01 2.7 143 134 12 7 0.01 2 0.3 1.6 16 0.01
KL20-09 94 97 0.0191 191 0.1 18.4 6900 5700 27 26 1 0.01 8.5 33.7 26 0.01
KL20-09 97 100 0.0203 203 0.02 11.9 7600 10300 36 13 0.01 0.01 13.2 5.9 17 0.01
KL20-09 100 103 0.0047 47 0.01 3.3 2110 1825 16 0.01 0.01 0.01 2 5.8 15 0.01
KL20-09 103 106 0.0063 63 0.01 5.1 1770 2900 74 7 0.01 0.01 1.6 14.4 29 0.01
KL20-09 106 110.5 0.0117 117 0.01 4.6 1460 1970 73 11 0.01 0.01 1.4 13.3 23 0.01
KL20-09 110.5 113.5 0.0257 257 0.04 13.5 6000 9600 31 28 0.01 0.01 3.6 36.4 18 0.01
KL20-09 113.5 116.5 0.0115 115 0.01 4.3 1440 3000 12 18 0.01 0.01 2 16.8 23 0.01
KL20-09 116.5 119.5 0.0126 126 0.01 5.4 840 2840 15 8 0.01 0.01 2.4 8.2 15 0.01
KL20-09 119.5 122.5 0.0042 42 0.01 3.1 450 1170 3 5 0.01 0.01 0.9 6.5 22 0.01
KL20-09 122.5 125.5 0.027 270 0.02 7.6 610 1250 26 15 0.01 0.01 0.9 16.2 17 0.01
KL20-09 125.5 128.5 0.0206 206 0.02 12.1 378 2450 16 8 10 0.01 1.1 15.5 18 0.01
KL20-09 128.5 131.5 0.0155 155 0.29 5.5 368 550 10 3 92 0.01 0.2 8.7 15 0.01
KL20-09 131.5 134.5 0.0104 104 0.01 1.5 460 450 12 0.01 9 0.01 0.6 6.4 18 0.01
KL20-09 134.5 137.5 0.008 80 0.01 3.2 92 100 63 2 0.01 0.01 1.1 5.3 17 0.01
KL20-09 137.5 140.5 0.0128 128 0.02 4.2 95 132 80 5 1 0.01 1.2 4.8 18 0.01
KL20-09 140.5 143.5 0.0068 68 0.05 5.7 131 125 77 8 1 0.01 0.9 5.3 19 0.01
KL20-09 143.5 146.5 0.0097 97 0.03 5.3 430 490 180 0.01 9 0.01 0.5 6.7 18 0.01
KL20-09 146.5 149.5 0.022 220 0.04 5.2 241 257 170 33 8 0.01 0.3 6.5 30 0.01
KL20-09 149.5 152.5 0.048 480 0.16 11.6 2060 610 370 2 28 0.01 1.6 12.2 27 0.01
KL20-09 152.5 156.8 0.0148 148 0.13 11.3 1410 2200 250 3 3 0.01 0.8 16.9 26 0.01
KL20-09 156.8 160 0.0108 108 0.01 5.3 1210 2360 20 8 13 0.01 1.3 14.1 15 0.01
KL20-09 160 163 0.06 600 0.01 21.8 1730 1780 48 13 64 0.01 1.5 8.6 16 0.01
KL20-09 163 166 0.076 760 0.01 20.6 3610 4200 25 22 55 0.01 2.3 35.2 20 0.01
KL20-09 166 169 0.0204 204 0.01 11.9 440 930 17 13 26 0.01 0.8 4.4 21 0.01
KL20-09 169 173.1 0.01 100 0.01 2.5 600 510 11 17 5 0.01 1 4.3 18 0.01



Appendix V - 61 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-09 173.1 176.5 0.0138 138 0.1 4.1 1850 720 23 7 10 0.01 0.5 4.4 16 0.01
KL20-09 176.5 179.5 0.02 200 0.08 1.4 590 190 20 2 2 0.01 0.7 1.9 24 0.01
KL20-09 179.5 182.5 0.0158 158 0.1 3.1 4430 2600 19 0.01 6 0.01 2.6 6.4 17 0.01
KL20-09 182.5 185.5 0.0147 147 0.11 1.5 4370 1560 11 0.01 10 0.01 0.7 15.0 22 0.01
KL20-09 185.5 188.5 0.28 2800 0.51 10.5 10200 770 27 0.01 22 8 2.1 31.3 24 0.01
KL20-09 188.5 191.5 0.117 1170 2.68 8.2 4400 580 18 0.01 8 4 1.1 12.1 23 0.01
KL20-09 191.5 194.5 0.29 2900 0.29 5.4 25600 750 9 6 29 6 0.01 20.5 64 0.01
KL20-09 194.5 197.5 0.42 4200 0.17 5.6 17300 260 23 4 227 11 0.9 28.4 41 0.01
KL20-09 197.5 200.5 0.63 6300 0.25 38.3 45100 6000 38 3 102 17 10 27.0 31 0.01
KL20-09 200.5 203.5 0.071 710 0.15 1.8 600 94 27 92 9 0.01 3.5 3.6 54 0.01
KL20-09 203.5 206.5 0.0369 369 0.04 1.7 1790 132 27 1272 7 0.01 1.5 5.7 45 0.01
KL20-09 206.5 209.5 0.158 1580 0.03 1.5 3860 31 36 65 39 4 0.01 12.6 22 0.01
KL20-09 209.5 212.5 0.077 770 0.01 0.6 131 14 1 4 11 5 0.2 5.6 0 0.01
KL20-09 212.5 215.5 0.6 6000 0.11 4.7 7100 103 18 102 7 13 0.7 8.4 19 0.01
KL20-09 215.5 218.5 0.177 1770 0.43 2 25000 230 15 25 4 26 0.01 15.5 19 0.01
KL20-09 218.5 221.5 0.192 1920 0.28 3.1 6400 76 10 21 3 6 1 10.0 13 0.01
KL20-09 221.5 224.5 0.227 2270 0.42 2.7 4300 77 17 10 4 8 0.6 6.8 14 0.01
KL20-09 224.5 227.5 0.117 1170 4.61 3.3 14300 201 28 10 128 11 1 21.4 23 0.01
KL20-09 227.5 230.5 0.28 2800 0.58 3.4 4400 100 21 32 160 8 0.7 10.7 14 0.01
KL20-09 230.5 232.5 0.203 2030 0.33 2 1240 35 26 40 33 14 3.5 9.7 23 0.01
KL20-09 232.5 236.5 0.497 4970 0.34 2.8 3300 44 8 42 50 22 0.4 7.2 5 0.01
KL20-09 236.5 239.5 0.22 2200 0.22 1.9 12000 62 5 148 78 19 1 24.7 5 0.01
KL20-09 239.5 242.5 0.56 5600 1.13 3 13600 34 20 109 80 13 0.7 6.9 20 0.01
KL20-09 242.5 245.5 0.76 7600 1.21 4.3 15400 370 340 175 22 9 1.2 11.6 29 0.35
KL20-09 245.5 248.5 0.472 4720 0.47 1.7 468 36 12 167 42 2 0.6 12.8 28 0.01
KL20-09 248.5 251.5 0.377 3770 0.14 1.4 187 54 25 1330 94 5 0.4 5.6 86 0.01
KL20-09 251.5 254.5 1.13 11300 0.91 5.4 56800 63 20 37 54 38 2.1 98.5 47 0.01
KL20-09 254.5 257.5 0.18 1800 0.07 0.8 870 22 11 560 1 3 0.4 6.4 17 0.01
KL20-09 257.5 260.5 0.522 5220 0.07 3.1 199 72 20 560 48 3 1.5 6.7 29 0.01
KL20-09 260.5 263.5 0.017 170 0.01 0.01 55 14 0.01 550 1 0.01 0.3 2.3 12 0.01
KL20-09 263.5 266.5 0.0173 173 0.04 0.01 660 37 3 114 2 0.01 0.01 5.8 6 0.01
KL20-09 266.5 269.5 0.204 2040 0.04 1.6 193 21 7 244 3 0.01 0.01 4.6 18 0.01
KL20-09 269.5 272.5 0.346 3460 0.16 1.7 105 32 13 770 0.01 0.01 0.4 5.3 37 0.01
KL20-09 272.5 275.5 0.53 5300 0.7 2.7 28500 13 10 19 4 35 0.3 39.5 17 0.01
KL20-09 275.5 278.5 0.166 1660 0.19 1.8 4740 10 10 13 5 24 2 4.8 17 0.01
KL20-09 278.5 281.5 0.471 4710 0.5 4.3 4590 8 8 4 5 35 0.4 5.3 19 0.01
KL20-09 281.5 284.5 0.163 1630 0.29 4.4 650 17 6 7 2 0.01 0.01 0.8 12 0.01
KL20-09 284.5 287.5 0.83 8300 0.68 22.4 2500 30 6 20 3 7 0.01 3.0 16 0.01
KL20-09 287.5 290.5 0.33 3300 0.45 2.4 8000 8 9 6 6 35 0.01 12.4 29 0.01
KL20-09 290.5 293.5 0.114 1140 0.19 0.8 4200 9 2 13 1 21 0.01 5.3 22 0.01
KL20-09 293.5 296.5 2.22 22200 1.82 6 630 12 0.01 11 0.01 64 0.01 22.0 32 0.01
KL20-09 296.5 299.5 0.67 6700 0.53 1.8 265 6 0.01 13 0.01 22 0.01 7.8 24 0.01
KL20-09 299.5 302.5 0.76 7600 0.79 3 286 5 4 54 0.01 32 0.01 10.5 26 0.01
KL20-09 302.5 305.5 0.144 1440 0.15 0.01 96 7 2 92 0.01 7 0.01 2.4 28 0.01
KL20-09 305.5 308.5 0.242 2420 0.24 0.8 78 6 0.01 334 0.01 7 0.01 4.3 42 0.01
KL20-09 308.5 311.5 0.39 3900 0.34 1 63 7 0.01 32 0.01 5 0.01 5.5 13 0.01
KL20-09 311.5 314.5 1.05 10500 0.94 2.1 216 7 0.01 16 0.01 24 0.01 10.8 24 0.01
KL20-09 314.5 316.2 0.081 810 0.11 0.01 166 27 0.01 740 0.01 15 0.3 2.3 24 0.01
KL20-09 316.2 319 2.29 22900 2.89 4.6 530 19 0.01 194 0.01 44 0.2 26.0 60 0.01
KL20-09 319 322 3.62 36200 6.1 7 440 14 0.01 53 0.01 78 0.5 24.0 31 0.01
KL20-09 322 324.7 2.04 20400 3.01 3.6 160 23 0.01 12 0.01 41 1 19.5 45 0.01
KL20-09 324.7 326.9 0.96 9600 0.78 3.1 75 12 0.01 760 0.01 14 0.01 8.2 64 0.01
KL20-09 326.9 328.6 1.28 12800 1.02 3.2 98 17 3 31 0.01 29 0.01 11.8 123 0.01
KL20-09 328.6 331 1.27 12700 1.32 2.4 126 14 0.01 65 0.01 57 0.01 10.0 64 0.1
KL20-09 331 334 1.51 15100 1.15 3.9 690 650 59 85 0.01 44 8.3 13.8 90 0.1
KL20-09 334 336.1 0.65 6500 0.37 1.6 37 20 14 210 0.01 14 0.2 8.3 96 0.01
KL20-09 336.1 337.9 0.6 6000 0.25 2.1 156 18 12 220 0.01 5 0.01 5.7 136 0.01
KL20-09 337.9 340 0.369 3690 0.23 1.8 157 126 5 153 1 14 0.4 8.8 98 0.01
KL20-09 340 341.2 0.24 2400 0.38 0.8 47 13 2 204 0.01 6 0.5 4.0 95 0.01
KL20-09 341.2 343 0.62 6200 0.28 3 173 88 7 113 2 11 0.9 16.0 106 0.01
KL20-09 343 346 0.61 6100 0.63 1.2 127 23 10 112 0.01 6 0.01 8.4 185 0.01
KL20-09 346 349 0.6 6000 0.56 1.5 69 14 5 132 0.01 12 0.2 7.8 126 0.01
KL20-09 349 352 0.62 6200 0.62 1.4 61 13 1 260 1 11 0.6 6.8 141 0.01



Appendix V - 62 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-09 352 355 0.67 6700 0.59 3.5 990 341 26 56 14 6 5.3 6.3 103 0.1
KL20-09 355 358 0.45 4500 0.39 2 196 168 88 27 2 2 13.9 6.3 115 0.46
KL20-09 358 361 0.58 5800 0.61 1.5 103 15 51 63 1 9 0.8 5.5 117 0.01
KL20-09 361 364 0.42 4200 0.54 0.9 76 23 20 18 1 6 0.6 7.0 123 0.01
KL20-09 364 367 0.451 4510 0.57 0.9 61 16 3 34 0.01 7 0.6 6.3 130 0.01
KL20-09 367 370 0.82 8200 0.94 1.7 78 17 0.01 45 0.01 10 0.01 8.5 143 0.01
KL20-09 370 373 0.58 5800 0.45 1.3 107 27 77 51 0.01 11 3.7 8.0 121 0.2
KL20-09 373 376 0.495 4950 0.35 1.4 108 25 38 61 0.01 6 2.1 5.5 107 0.01
KL20-09 376 379 0.38 3800 0.32 1.4 87 24 47 121 0.01 7 4.5 8.0 98 0.11
KL20-09 379 382 0.476 4760 0.33 1.1 51 13 17 28 0.01 7 0.4 5.8 96 0.01
KL20-09 382 385 0.55 5500 0.5 1 52 10 4 67 0.01 7 0.7 5.2 102 0.01
KL20-09 385 388 0.37 3700 0.56 1 68 21 4 167 0.01 11 0.8 6.0 79 0.01
KL20-09 388 391 0.357 3570 0.29 0.9 90 36 4 36 0.01 10 0.01 4.8 104 0.01
KL20-09 391 394 0.54 5400 0.57 1 48 13 0.01 38 0.01 7 0.3 4.8 125 0.01
KL20-09 394 397 0.43 4300 0.29 1.4 54 10 1 53 0.01 9 0.01 3.7 87 0.01
KL20-09 397 400 0.4 4000 0.27 1.4 60 17 2 58 0.01 10 0.01 4.5 86 0.01
KL20-09 400 403 0.489 4890 0.32 1.4 57 8 0.01 72 1 13 0.01 6.3 90 0.01
KL20-09 403 406 0.479 4790 0.39 1.6 64 6 0.01 71 0.01 17 0.01 6.9 91 0.01
KL20-09 406 409 0.57 5700 0.37 1.4 83 11 3 28 1 13 0.6 8.9 76 0.01
KL20-09 409 412 0.43 4300 0.36 0.9 66 10 1 57 0.01 13 0.01 6.0 75 0.01
KL20-09 412 415 0.5 5000 0.32 1.3 76 24 30 76 0.01 11 1.1 6.8 84 0.01
KL20-09 415 418 0.4 4000 0.37 2.1 189 670 30 96 0.01 13 2.4 5.5 75 0.01
KL20-09 418 421 0.38 3800 0.28 1 59 22 3 48 0.01 12 0.4 8.4 38 0.01
KL20-09 421 424 0.273 2730 0.22 0.8 268 149 280 29 0.01 9 4.4 4.5 39 0.01
KL20-09 424 427 0.436 4360 0.36 1.2 253 127 65 41 0.01 13 5.1 6.1 54 0.01
KL20-09 427 430 0.439 4390 0.29 1 52 15 2 107 0.01 17 0.01 5.0 52 0.01
KL20-09 430 433 0.54 5400 0.54 1.2 34 16 32 19 0.01 13 3.2 4.5 52 0.01
KL20-09 433 436 0.86 8600 0.57 2 84 14 2 176 0.01 38 0.4 3.0 64 0.01
KL20-09 436 439 1.04 10400 0.76 2.2 83 17 12 91 0.01 27 0.01 6.5 56 0.01
KL20-09 439 442 0.58 5800 0.48 1.2 55 10 2 193 0.01 22 0.01 3.2 56 0.01
KL20-09 442 445 1.25 12500 0.89 2.6 76 11 1 92 0.01 30 0.3 5.3 64 0.01
KL20-09 445 448 1.04 10400 0.76 2.3 61 15 7 61 0.01 26 0.5 4.3 63 0.01
KL20-09 448 449.8 0.615 6150 0.44 1.3 72 15 2 239 0.01 31 0.01 5.6 75 0.01
KL20-09 449.8 451.6 0.6 6000 0.32 1.7 72 19 2 210 0.01 30 0.4 7.0 71 0.01
KL20-09 451.6 454 0.89 8900 0.65 3 79 16 1 232 1 21 0.3 9.5 71 0.01
KL20-09 454 457 1.36 13600 1.4 2.8 150 34 47 43 0.01 27 2.8 11.0 57 0.01
KL20-09 457 460 0.615 6150 0.68 1.6 196 53 52 11 1 12 7.4 4.8 116 0.01
KL20-09 460 463 1.39 13900 1.92 7.2 286 59 480 5 2 20 22.5 3.0 92 1.18
KL20-09 463 466 1.55 15500 2.24 3.5 62 11 4 4 2 17 0.6 9.0 52 0.1
KL20-09 466 469 1.15 11500 1.25 2.4 80 18 60 13 0.01 13 6.2 6.3 38 0.1
KL20-09 469 472 0.83 8300 0.74 1.9 95 13 5 36 0.01 27 0.5 6.3 43 0.01
KL20-09 472 474.2 1.54 15400 2.04 3.8 125 16 6 22 1 27 0.3 7.5 86 0.11
KL20-09 474.2 475.6 0.84 8400 0.51 2.9 140 18 7 69 0.01 17 0.2 10.2 48 0.01
KL20-09 475.6 478 0.52 5200 0.8 1.6 52 14 66 23 2 6 5.6 5.8 41 0.01
KL20-09 478 481 0.74 7400 0.88 1.6 40 7 3 23 0.01 13 0.4 6.8 283 0.01
KL20-09 481 484 0.57 5700 0.75 1.3 38 8 21 21 0.01 5 0.3 4.8 300 0.01
KL20-09 484 487 0.425 4250 0.5 4.4 70 38 60 20 0.01 7 27 3.3 270 0.1
KL20-09 487 490 0.6 6000 0.54 1.3 53 13 26 27 0.01 10 0.4 4.5 63 0.01
KL20-09 490 493 0.64 6400 0.68 3.4 56 19 280 23 0.01 9 15.7 4.8 54 0.15
KL20-09 493 496 0.64 6400 1.09 3.2 51 18 320 18 1 6 9 5.3 50 0.16
KL20-09 496 499 0.44 4400 0.64 2.6 38 10 110 11 1 5 6.7 5.5 37 0.1
KL20-09 499 502 0.77 7700 0.5 2.2 72 10 3 420 0.01 18 0.4 5.6 56 0.01
KL20-09 502 505 0.72 7200 0.62 1.8 63 14 22 35 0.01 15 3 3.5 76 0.01
KL20-09 505 508 0.357 3570 0.34 3.4 58 33 39 19 0.01 7 26 5.2 62 0.12
KL20-09 508 511 0.5 5000 0.5 4.6 72 30 66 11 0.01 8 30 5.5 189 0.24
KL20-09 511 514 0.66 6600 0.47 23.1 264 164 800 31 0.01 12 110 6.3 175 1.72
KL20-09 514 517 0.73 7300 0.52 1.6 48 59 19 24 0.01 6 1.5 4.2 217 0.01
KL20-09 517 520 0.335 3350 0.34 0.7 27 10 38 12 0.01 3 0.6 2.8 154 0.01
KL20-09 520 523 0.426 4260 0.34 3 75 76 78 13 0.01 7 15 3.3 220 0.12
KL20-09 523 526 0.414 4140 0.45 1 33 14 48 10 0.01 5 2.7 3.5 266 0.18
KL20-09 526 529 0.46 4600 0.43 1.3 32 11 45 10 0.01 4 3.8 2.5 202 0.11
KL20-09 529 532 0.44 4400 0.53 2.6 39 33 62 11 0.01 6 16.2 3.5 251 0.79
KL20-09 532 535 0.5 5000 0.41 1.2 35 5 75 12 0.01 4 3.6 2.5 235 0.01



Appendix V - 63 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL20-09 535 538 0.482 4820 0.51 1.2 59 20 21 12 0.01 5 1.8 3.3 217 0.01
KL20-09 538 541 0.324 3240 0.29 0.6 36 7 2 39 0.01 9 0.01 3.5 210 0.01
KL20-09 541 544 0.225 2250 0.24 0.6 38 10 0.01 13 0.01 7 0.01 3.0 185 0.01
KL20-09 544 547 0.346 3460 0.53 1.1 49 10 5 12 0.01 5 0.01 3.5 176 0.01
KL20-09 547 550 0.321 3210 0.38 1.3 25 9 4 13 1 6 0.01 4.2 174 0.01
KL20-09 550 553 0.5 5000 0.62 1.2 27 5 0.01 10 0.01 7 0.01 3.3 181 0.01
KL20-09 553 556 0.35 3500 0.39 0.8 31 8 3 12 0.01 8 0.01 3.5 61 0.01
KL20-09 556 559 0.35 3500 0.11 0.8 41 10 44 18 0.01 8 0.7 3.3 286 0.01
KL20-09 559 562 0.152 1520 0.08 0.8 38 35 65 9 0.01 5 1.1 2.5 220 0.01
KL20-09 562 565 0.58 5800 0.44 1 30 14 17 13 0.01 6 0.01 3.3 48 0.01
KL20-09 565 568 0.498 4980 0.43 0.9 27 9 20 14 0.01 7 0.01 3.8 182 0.01
KL20-09 568 570.3 0.334 3340 0.33 0.8 20 7 2 10 0.01 6 0.01 2.5 257 0.01
KL20-09 570.3 572.5 0.376 3760 0.33 0.7 17 5 0.01 15 0.01 5 0.01 3.5 305 0.01
KL20-09 572.5 575.5 0.491 4910 0.24 1.7 27 10 33 12 0.01 12 0.7 5.5 207 0.01
KL20-09 575.5 578.5 0.186 1860 0.13 0.01 25 9 13 25 0.01 6 0.01 2.8 237 0.01
KL20-09 578.5 581.5 0.22 2200 0.17 0.5 20 6 34 31 0.01 4 1.1 2.5 141 0.01
KL20-09 581.5 584.5 0.215 2150 0.14 1.1 26 15 41 16 0.01 5 1.1 2.7 151 0.01
KL20-09 584.5 587.5 0.26 2600 0.26 0.7 24 8 35 52 0.01 3 1.6 2.3 145 0.01
KL20-09 587.5 590.3 0.456 4560 0.32 1.1 30 8 5 34 0.01 6 1.6 4.3 170 0.01
KL20-09 590.3 593.4 0.63 6300 0.48 1.7 51 5 46 53 0.01 10 0.01 5.3 189 0.1
KL20-09 593.4 596.5 0.486 4860 0.37 1.8 65 7 75 26 0.01 11 3.1 4.8 175 0.01
KL20-09 596.5 599.5 0.477 4770 0.25 1 40 0.01 59 32 0.01 10 1.9 3.8 237 0.01
KL20-09 599.5 602.5 0.41 4100 0.29 1.4 38 0.01 6 15 0.01 10 0.01 3.5 216 0.01
KL20-09 602.5 605.5 0.423 4230 0.29 1.1 41 8 10 34 0.01 9 0.01 4.3 221 0.01
KL20-09 605.5 608.5 0.383 3830 0.29 1.6 166 30 83 31 0.01 7 12.4 5.3 214 0.1
KL20-09 608.5 611.5 0.044 440 0.04 0.01 58 18 11 57 1 15 0.01 6.5 158 0.01
KL20-09 611.5 614.5 0.272 2720 0.19 0.01 14 0.01 6 60 0.01 6 0.01 3.3 190 0.01
KL20-09 614.5 617.5 0.225 2250 0.16 0.6 15 12 30 30 1 5 2.6 4.0 178 0.01
KL20-09 617.5 620.5 0.138 1380 0.11 0.01 12 8 5 19 0.01 5 0.01 2.8 173 0.01
KL20-09 620.5 623.5 0.51 5100 0.43 1 25 8 52 18 0.01 8 1.6 3.8 203 0.01
KL20-09 623.5 626.5 0.375 3750 0.34 1 29 15 16 17 0.01 5 0.4 3.3 241 0.01
KL20-09 626.5 629.5 0.34 3400 0.29 0.7 26 7 8 23 0.01 7 0.5 3.5 224 0.01
KL20-09 629.5 632.5 0.283 2830 0.12 0.01 20 7 10 42 0.01 4 0.01 3.8 129 0.01
KL20-09 632.5 635.5 0.6 6000 0.42 2.3 52 25 63 13 0.01 3 20.4 4.8 159 0.69
KL20-09 635.5 638.5 0.278 2780 0.13 0.6 33 14 8 26 0.01 6 0.4 3.0 153 0.01
KL20-09 638.5 641.5 0.23 2300 0.12 0.6 59 42 9 24 0.01 3 1 2.9 60 0.01
KL20-09 641.5 643.1 0.245 2450 0.12 0.6 69 64 3 12 0.01 2 0.8 3.1 65 0.01
KL20-09 643.1 645.2 0.25 2500 0.12 0.7 133 158 3 65 0.01 0.01 1.1 2.4 56 0.01
KL22-02 230.6 234.4 0.15 1500 0.09 4 8400 5900 21 460 9 2 1.8 12.3 72 0.01
KL22-02 234.4 235.8 0.54 5400 1.99 2.2 106800 115 8 7 94 90 1 41.4 31 0.01
KL22-02 235.8 238.7 0.54 5400 0.59 4.2 19200 147 6 8 40 34 0.6 80.0 22 0.01
KL22-02 238.7 240.7 1.06 10600 1.24 1.5 167 37 3 25 14 7 0.4 14.8 30 0.01
KL22-02 240.7 242 1.3 13000 1.56 1.7 430 41 8 60 8 25 0.2 21.0 34 0.01
KL22-02 242 243.5 2.74 27400 4.07 6.8 1150 134 3 4 25 65 0.2 58.8 23 0.1
KL22-02 243.5 245.5 0.97 9700 2.68 2.4 89 60 16 5 14 6 0.3 7.8 27 0.01
KL22-02 245.5 248 0.65 6500 1.38 0.8 600 25 10 249 18 3 0.4 7.5 26 0.01
KL22-02 248 251 0.247 2470 0.95 0.01 39 19 5 870 6 0.01 0.3 4.5 31 0.01
KL22-02 251 254 0.3 3000 0.94 0.01 257 40 16 480 7 3 0.8 5.3 36 0.01
KL22-02 254 257 0.149 1490 0.3 0.01 92 17 18 690 5 2 0.5 4.2 30 0.01
KL22-02 257 260 0.22 2200 0.71 0.01 74 17 11 570 5 4 0.3 3.5 47 0.01
KL22-02 260 263 0.36 3600 0.45 1.1 195 14 6 196 3 7 0.01 4.2 23 0.01
KL22-02 263 266 0.123 1230 0.21 0.01 55 14 11 775 0.01 5 0.2 3.0 28 0.01
KL22-02 266 269 0.0175 175 0.03 0.01 47 10 8 375 0.01 2 0.2 0.6 19 0.01
KL22-02 269 272 0.0169 169 0.04 0.01 41 9 19 520 0.01 0.01 0.01 1.4 12 0.01
KL22-02 272 275 0.0218 218 0.04 0.01 63 11 7 373 0.01 3 0.3 3.4 20 0.01
KL22-02 275 278 0.047 470 0.08 0.01 1270 124 19 176 2 2 0.7 4.1 27 0.01
KL22-02 278 281.2 0.46 4600 0.19 1.5 207 70 17 266 8 10 1.3 8.3 44 0.01
KL22-02 281.2 284.2 0.57 5700 0.83 1.2 690 12 7 13 22 19 0.01 5.3 21 0.01
KL22-02 284.2 286.8 0.58 5800 1.23 0.01 3600 13 5 32 2 36 0.01 8.5 25 0.01
KL22-02 286.8 288.8 0.0163 163 0.02 0.01 30 7 8 45 0.01 0.01 0.01 1.4 19 0.01
KL22-02 288.8 290.4 0.127 1270 0.09 0.01 42 12 4 410 1 0.01 0.01 2.4 16 0.01
KL22-02 290.4 293.4 0.7 7000 3.07 4.3 7800 21 8 5 1 31 0.01 8.0 29 0.01
KL22-02 293.4 296.5 0.62 6200 0.68 2.9 4400 25 18 5 1 33 0.01 11.3 38 0.01



Appendix V - 64 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL22-02 296.5 299.4 0.28 2800 0.32 2.2 3100 42 9 5 12 15 0.4 4.8 18 0.01
KL22-02 299.4 302.4 0.088 880 0.17 0.5 2180 11 9 22 0.01 6 0.5 1.5 17 0.01
KL22-02 302.4 304.7 0.0238 238 0.03 0.01 730 10 15 3 0.01 12 0.2 0.6 11 0.01
KL22-02 304.7 306.7 1.42 14200 0.88 1.3 186 7 1 5 1 26 0.3 14.0 15 0.01
KL22-02 306.7 308 1.28 12800 1.41 1.4 93 8 0.01 4 1 20 0.01 13.0 22 0.01
KL22-02 308 311 0.89 8900 0.36 0.01 116 8 1 75 0.01 32 0.01 11.2 13 0.01
KL22-02 311 314 3.15 31500 1.76 6.2 108 11 2 62 4 40 0.01 26.3 53 0.01
KL22-02 314 317 0.318 3180 0.31 0.01 99 8 0.01 149 1 23 0.01 5.0 50 0.01
KL22-02 317 320.7 0.68 6800 0.56 0.01 92 18 4 92 0.01 21 0.3 9.3 57 0.01
KL22-02 320.7 323 2.57 25700 2.64 4.2 111 13 5 42 1 26 0.2 26.3 39 0.01
KL22-02 323 325.2 2.17 21700 1.98 2.7 264 54 12 56 1 25 0.3 15.7 91 0.01
KL22-02 325.2 328.2 0.737 7370 0.51 1.4 141 78 11 13 4 15 0.5 9.7 65 0.01
KL22-02 328.2 330.8 2.07 20700 1.22 3 115 23 17 66 2 24 0.6 31.0 36 0.01
KL22-02 330.8 334.1 1.95 19500 1.76 3.8 61 27 7 21 3 13 0.4 18.0 50 0.01
KL22-02 334.1 336.6 1.76 17600 1.25 2.8 100 10 7 71 1 16 0.3 11.0 67 0.01
KL22-02 336.6 339.1 0.55 5500 0.62 2.2 162 78 20 32 2 8 10.4 6.3 76 0.01
KL22-02 339.1 341 0.5 5000 0.67 0.01 30 37 5 29 0.01 7 0.5 6.0 65 0.01
KL22-02 341 344 0.83 8300 0.8 0.8 73 12 7 45 0.01 12 0.3 7.5 84 0.01
KL22-02 344 347 1.2 12000 0.61 2.5 91 28 12 16 1 12 0.7 7.7 74 0.01
KL22-02 347 350 0.62 6200 0.56 3.3 1470 1240 23 20 4 10 6.2 8.0 60 0.01
KL22-02 350 353 0.73 7300 0.49 0.5 55 17 8 61 1 10 0.3 7.5 64 0.01
KL22-02 353 356 0.57 5700 0.31 0.01 54 12 12 33 0.01 10 0.3 7.8 57 0.01
KL22-02 356 359 0.85 8500 0.41 0.01 58 12 8 64 1 12 0.4 6.3 67 0.01
KL22-02 359 362 0.64 6400 0.73 0.01 45 8 2 38 0.01 8 0.2 7.8 65 0.01
KL22-02 362 365 0.77 7700 0.6 0.01 61 10 2 50 0.01 14 0.2 5.5 75 0.01
KL22-02 365 368 0.486 4860 0.38 0.01 65 8 12 79 0.01 11 0.6 7.0 51 0.01
KL22-02 368 371 0.45 4500 0.34 0.01 41 10 6 251 0.01 8 0.2 5.4 77 0.01
KL22-02 371 374 0.72 7200 0.87 2.1 52 10 4 106 0.01 11 0.2 6.5 65 0.01
KL22-02 374 377 0.391 3910 0.26 0.01 40 8 3 31 0.01 10 0.5 6.3 84 0.01
KL22-02 377 380 0.84 8400 0.56 2 74 11 4 60 1 21 1.4 9.4 64 0.01
KL22-02 380 383 0.3 3000 0.19 0.01 40 9 3 43 0.01 10 0.4 7.5 75 0.01
KL22-02 383 386 0.458 4580 0.31 0.01 71 26 4 25 0.01 19 0.4 5.5 70 0.01
KL22-02 386 389 0.375 3750 0.24 0.01 38 8 6 68 0.01 15 0.3 7.0 99 0.01
KL22-02 389 392 0.59 5900 0.35 1.3 84 17 69 54 0.01 18 3.8 7.0 72 0.01
KL22-02 392 395 0.585 5850 0.36 0.7 45 7 2 112 0.01 19 0.3 7.0 78 0.01
KL22-02 395 398 0.85 8500 0.58 2 65 8 2 360 0.01 34 0.3 9.3 66 0.01
KL22-02 398 401 0.28 2800 0.24 0.01 39 7 3 59 0.01 18 0.2 3.8 84 0.01
KL22-02 401 404 0.352 3520 0.48 0.01 42 10 3 87 0.01 9 0.2 4.8 70 0.01
KL22-02 404 407 0.38 3800 0.24 0.01 76 14 2 263 0.01 10 0.01 5.8 115 0.01
KL22-02 407 410 0.39 3900 0.19 0.01 40 10 2 139 0.01 10 0.01 4.8 77 0.01
KL22-02 410 413 0.45 4500 0.26 0.01 42 9 2 80 1 12 0.01 4.8 63 0.01
KL22-02 413 416.2 0.69 6900 0.57 0.01 59 10 5 44 0.01 25 0.01 4.8 78 0.01
KL22-02 416.2 419 0.42 4200 0.35 1.1 74 9 62 20 0.01 10 3.2 2.8 81 0.01
KL22-02 419 422 0.64 6400 0.7 0.01 59 10 3 10 1 12 0.01 4.2 91 0.01
KL22-02 422 423.6 0.42 4200 0.46 0.01 52 10 1 8 0.01 12 0.01 3.5 84 0.01
KL22-02 423.6 425.2 0.64 6400 0.45 0.01 55 9 4 12 0.01 11 0.01 5.5 66 0.01
KL22-02 425.2 428 0.68 6800 0.61 0.01 65 9 48 10 0.01 11 0.4 5.1 88 0.01
KL22-02 428 431 0.73 7300 0.8 1.3 60 10 8 11 2 7 0.5 5.0 88 0.01
KL22-02 431 434 0.52 5200 0.66 0.01 53 9 10 9 1 4 0.01 4.0 97 0.01
KL22-02 434 437 0.85 8500 0.83 0.01 85 10 110 91 0.01 14 5.1 6.8 90 0.12
KL22-02 437 440 1.1 11000 0.83 1.4 89 10 26 118 0.01 17 0.5 6.5 85 0.01
KL22-02 440 443 1.31 13100 0.99 1.5 81 10 2 169 0.01 20 0.2 5.8 62 0.01
KL22-02 443 444.9 1.47 14700 1.53 2.5 79 9 0.01 38 2 16 0.01 7.0 61 0.01
KL22-02 444.9 447.6 2.42 24200 1.28 4.8 121 11 2 70 0.01 19 0.01 9.0 74 0.01
KL22-02 447.6 449 2.12 21200 0.78 5.2 101 12 6 11 0.01 27 0.01 8.8 98 0.01
KL22-02 449 452 0.98 9800 0.48 3 48 15 7 82 1 16 0.01 10.8 148 0.01
KL22-02 452 455.2 0.63 6300 0.43 0.7 62 14 5 68 0.01 16 0.2 7.5 98 0.01
KL22-02 455.2 458 0.86 8600 0.57 1.3 130 14 58 64 0.01 12 0.8 7.4 135 0.01
KL22-02 458 461 0.67 6700 0.48 1.2 48 11 25 49 0.01 11 1.6 6.0 221 0.01
KL22-02 461 464 0.39 3900 0.47 0.7 45 11 5 8 0.01 6 0.01 5.1 240 0.01
KL22-03 277 279.5 0.36 3600 0.29 2.3 241 9 5 0.01 0.01 14 0.01 5.8 15 0.01
KL22-03 279.5 281.75 1.66 16600 2.22 15.8 7800 13 1 3 4 32 0.01 17.7 17 0.01
KL22-03 281.75 283.9 0.46 4600 0.73 3.6 2320 14 3 15 2 70 0.4 9.0 34 0.01



Appendix V - 65 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL22-03 283.9 286.9 0.58 5800 0.81 4.7 114 10 2 43 1 14 0.2 8.5 20 0.01
KL22-03 286.9 289.55 1.26 12600 1.49 3.4 83 14 14 12 1 14 0.01 11.2 53 0.01
KL22-03 289.55 292.55 3.42 34200 2.01 9.8 195 12 6 17 2 21 0.2 19.5 76 0.01
KL22-03 292.55 295.65 1.44 14400 0.9 4.3 165 10 5 224 4 13 0.01 13.0 24 0.01
KL22-03 295.65 298.65 0.56 5600 0.39 2.3 112 8 5 10 5 5 0.01 8.5 49 0.01
KL22-03 298.65 301.7 0.43 4300 0.33 1.1 52 11 6 27 1 7 0.2 9.3 56 0.01
KL22-03 301.7 303.1 0.6 6000 0.6 2 53 6 2 22 0.01 9 0.01 8.8 20 0.01
KL22-03 303.1 306.4 1.25 12500 0.47 1.8 83 6 3 990 0.01 23 0.2 7.0 48 0.01
KL22-03 306.4 308.6 0.38 3800 0.18 1.2 36 8 4 102 0.01 10 0.2 2.5 98 0.01
KL22-03 308.6 310.6 0.5 5000 0.18 2.6 42 9 2 113 0.01 9 0.01 6.8 73 0.01
KL22-03 310.6 312.45 0.6 6000 0.25 1.8 47 8 3 271 0.01 13 0.2 7.0 77 0.01
KL22-03 312.45 314.5 1.07 10700 0.48 1.6 70 9 2 348 0.01 12 0.2 5.5 117 0.01
KL22-03 314.5 316.2 0.56 5600 0.3 1 43 10 2 900 0.01 27 0.2 11.3 139 0.01
KL22-03 316.2 318.65 0.7 7000 0.34 1.2 51 14 2 75 0.01 18 0.01 6.0 83 0.01
KL22-03 318.65 321 0.66 6600 0.42 0.8 42 5 3 76 0.01 10 0.6 4.0 94 0.01
KL22-03 321 324 0.64 6400 0.53 0.9 48 6 3 34 0.01 13 0.3 5.9 68 0.01
KL22-03 324 327 1.02 10200 0.78 1.5 54 8 2 30 0.01 18 0.2 4.3 74 0.01
KL22-03 327 330.25 1.87 18700 1 2.5 82 9 4 26 0.01 21 0.01 3.3 150 0.01
KL22-03 330.25 333.25 0.9 9000 0.72 0.9 68 12 82 48 0.01 15 0.4 4.3 99 0.01
KL22-03 333.25 336 1.02 10200 0.98 1.2 50 11 3 52 0.01 13 0.01 3.8 101 0.01
KL22-03 336 337.6 1.1 11000 0.89 2.2 65 11 3 124 0.01 15 0.01 4.3 73 0.01
KL22-03 337.6 340.6 0.98 9800 0.66 1.6 50 10 1 25 0.01 13 0.2 3.0 85 0.01
KL22-03 340.6 343.1 0.83 8300 0.3 1.7 149 21 4 35 0.01 10 0.6 6.5 87 0.01
KL22-03 343.1 345 0.84 8400 0.63 1.5 175 25 3 138 1 12 0.3 6.6 112 0.01
KL22-03 345 348 1.02 10200 0.61 1.4 67 13 8 14 0.01 15 0.01 5.5 104 0.01
KL22-03 348 351 0.67 6700 0.48 1.2 263 54 210 41 0.01 14 3.2 3.8 111 0.32
KL22-03 351 354 0.59 5900 0.31 1.4 900 460 570 34 0.01 13 38 4.3 73 1.2
KL22-03 354 357 0.505 5050 0.37 0.9 300 223 190 46 0.01 13 3.7 4.0 91 0.16
KL22-03 357 360.15 0.61 6100 0.45 1.3 67 11 2 11 0.01 13 0.2 3.5 112 0.01
KL22-03 360.15 363.15 0.53 5300 0.24 1.3 50 20 4 32 0.01 12 0.3 5.3 94 0.01
KL22-03 363.15 366.15 0.58 5800 0.34 1.2 44 15 3 14 0.01 12 0.01 4.5 105 0.01
KL22-03 366.15 369.15 0.55 5500 0.36 1.5 42 15 2 36 1 15 0.01 4.5 101 0.01
KL22-03 369.15 372.15 0.5 5000 0.3 1.8 195 36 4 38 1 13 0.4 5.5 99 0.01
KL22-03 372.15 375.15 0.51 5100 0.42 2.4 530 154 6 10 1 13 0.3 5.0 107 0.01
KL22-03 375.15 378 0.92 9200 0.48 6.1 6900 2200 28 4 1 16 2.3 8.5 74 0.01
KL22-03 378 380.5 0.71 7100 0.47 13.2 16300 6700 60 84 0.01 13 16 10.7 64 0.33
KL22-03 380.5 383 0.91 9100 0.68 9.1 1840 1100 41 75 1 11 17.4 11.2 77 0.14
KL22-03 383 386 0.69 6900 0.44 5.3 960 450 7 76 0.01 12 1.9 4.8 89 0.01
KL22-03 386 389 0.93 9300 0.54 2.4 97 37 9 134 0.01 15 1 4.8 82 0.01
KL22-03 389 392.4 0.93 9300 0.91 1.7 68 17 6 98 0.01 14 0.2 5.8 111 0.01
KL22-03 392.4 395.4 3.35 33500 2.86 3.7 138 36 7 41 1 12 0.01 3.5 109 0.01
KL22-03 395.4 397.9 0.66 6600 0.42 0.01 50 12 5 76 0.01 5 0.01 5.7 94 0.01
KL22-03 397.9 399.7 0.143 1430 0.14 0.01 179 16 7 10 0.01 5 0.01 11.1 91 0.01
KL22-04 264 266.4 0.32 3200 0.21 0.01 76 7 0.01 2 0.01 40 0.01 3.0 11 0.01
KL22-04 266.4 269.9 0.81 8100 0.55 1.9 107 10 0.01 16 0.01 11 0.01 8.8 15 0.01
KL22-04 269.9 271.6 1.11 11100 0.77 1 120 18 1 2 0.01 18 0.01 13.5 13 0.01
KL22-04 271.6 275.1 2.56 25600 1.56 3.7 136 8 0.01 2 0.01 32 0.01 25.2 19 0.01
KL22-04 275.1 276 0.77 7700 0.63 2.9 139 6 2 0.01 1 36 0.01 12.3 23 0.01
KL22-04 276 278 0.84 8400 0.56 2.1 118 15 4 5 0.01 21 0.01 12.5 14 0.01
KL22-04 278 280.4 1.03 10300 0.67 2.1 111 8 4 2 0.01 24 0.01 15.7 17 0.01
KL22-04 280.4 283.4 0.88 8800 0.58 2.6 81 0.01 2 128 0.01 12 0.01 7.3 19 0.01
KL22-04 283.4 286.6 1.72 17200 1.09 3.5 108 0.01 2 61 0.01 10 0.01 9.8 16 0.01
KL22-04 286.6 289.6 0.84 8400 0.6 2.2 71 0.01 1 6 1 7 0.01 8.2 15 0.01
KL22-04 289.6 292.6 0.74 7400 0.34 1.8 84 5 3 12 1 11 0.01 4.5 17 0.01
KL22-04 292.6 295.6 0.9 9000 0.46 2.1 68 6 1 14 0.01 14 0.01 8.0 48 0.01
KL22-04 295.6 298.6 1.04 10400 0.49 3.3 89 0.01 1 8 1 14 0.01 7.0 31 0.01
KL22-04 298.6 300.6 0.9 9000 0.36 2.7 113 5 2 14 3 19 0.01 12.3 37 0.01
KL22-04 300.6 302.6 2.05 20500 1.16 3.5 180 57 5 22 2 11 0.2 11.5 20 0.01
KL22-04 302.6 304.6 2.58 25800 1.08 4.2 143 9 1 27 2 19 0.01 7.5 24 0.01
KL22-04 304.6 306.6 0.98 9800 0.3 1.7 83 7 2 104 0.01 17 0.01 9.3 78 0.01
KL22-04 306.6 309.2 0.69 6900 0.5 1.5 34 6 2 152 0.01 8 0.2 6.7 103 0.01
KL22-04 309.2 310.7 0.95 9500 0.35 2.3 50 0.01 0.01 71 0.01 21 0.01 9.0 72 0.01
KL22-04 310.7 313.6 0.96 9600 0.53 2 55 0.01 0.01 64 0.01 10 0.4 2.8 116 0.01



Appendix V - 66 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL22-04 313.6 316.6 1.16 11600 0.78 2.2 950 299 6 34 0.01 9 0.6 5.0 137 0.01
KL22-04 316.6 319.6 0.84 8400 0.51 2.3 770 231 5 37 0.01 10 1.8 6.0 123 0.01
KL22-04 319.6 322.6 0.9 9000 0.85 1.6 33 20 1 38 1 9 0.01 5.5 133 0.01
KL22-04 322.6 325.6 1.01 10100 0.52 2 100 40 7 129 0.01 11 2 5.0 89 0.01
KL22-04 325.6 328.6 0.99 9900 0.62 2 156 82 9 124 0.01 10 7.6 4.8 93 0.01
KL22-04 328.6 331.6 0.71 7100 0.58 1.4 45 9 3 89 0.01 11 0.01 5.3 97 0.01
KL22-04 331.6 332.6 1 10000 0.72 1.8 68 8 1 20 0.01 9 0.01 5.3 70 0.01
KL22-04 332.6 336 1 10000 0.84 1.7 39 10 3 71 0.01 8 0.01 4.3 80 0.01
KL22-04 336 339 0.73 7300 0.81 1.6 43 11 2 93 1 10 0.3 5.1 87 0.01
KL22-04 339 342 1.02 10200 0.84 2.1 37 10 1 90 1 9 0.3 5.3 79 0.01
KL22-04 342 345 0.77 7700 0.5 1.8 50 11 0.01 52 0.01 8 0.01 2.5 63 0.01
KL22-04 345 348 0.4 4000 0.29 2.2 2150 86 51 6 2 12 1.3 2.3 45 0.01
KL22-04 348 351 0.85 8500 0.49 2.4 71 13 2 418 0.01 14 0.01 5.8 82 0.01
KL22-04 351 354 0.87 8700 0.42 2.3 73 12 2 130 0.01 12 0.4 5.3 78 0.01
KL22-04 354 357 0.7 7000 0.36 1.8 65 17 3 140 0.01 17 0.2 5.0 73 0.01
KL22-04 357 360 0.45 4500 0.18 1.3 40 12 2 210 0.01 15 0.01 5.0 54 0.01
KL22-04 360 363 1.21 12100 0.57 2.2 87 13 3 55 0.01 18 0.01 5.0 68 0.01
KL22-04 363 366 1.05 10500 0.7 2.3 161 51 19 146 0.01 17 5.2 6.2 82 0.01
KL22-04 366 369 0.79 7900 0.39 2.9 281 70 12 191 0.01 19 4 6.5 67 0.01
KL22-04 369 372 0.77 7700 0.29 3.1 145 25 6 136 1 21 0.5 5.0 55 0.01
KL22-04 372 374.9 0.69 6900 0.4 2.2 58 10 0.01 198 0.01 19 0.01 6.8 60 0.01
KL22-04 374.9 378 0.51 5100 0.43 1.4 33 6 2 80 0.01 6 0.01 3.3 30 0.01
KL22-04 378 381 0.7 7000 0.49 1.5 32 8 0.01 139 0.01 10 0.01 4.9 21 0.01
KL22-04 381 384.1 0.52 5200 0.43 1.2 35 7 1 78 0.01 6 0.01 3.5 35 0.01
KL22-04 384.1 387 0.99 9900 0.6 2.9 53 10 3 73 0.01 15 0.2 4.8 70 0.01
KL22-04 387 390 0.62 6200 0.46 1.4 41 11 3 40 1 12 0.3 4.5 50 0.01
KL22-04 390 392.8 0.67 6700 0.51 1.8 42 9 2 35 1 9 0.01 5.5 23 0.01
KL22-04 392.8 394.5 1.96 19600 1.6 3.1 88 11 1 22 1 17 0.01 6.8 50 0.01
KL22-04 394.5 396 0.72 7200 1.08 1.4 54 8 2 53 2 6 0.01 4.0 23 0.01
KL22-04 396 399 1.12 11200 1.24 5.6 244 153 44 40 4 4 5.7 7.3 100 0.01
KL22-04 399 402 0.35 3500 0.14 4.5 1200 610 130 25 0.01 2 22 1.8 166 0.15
KL22-04 402 405.6 0.65 6500 0.2 18.6 7600 2000 680 16 2 3 940 2.6 114 0.68
KL22-04 405.6 408 0.85 8500 0.85 3.7 106 67 5 13 3 7 3.4 5.8 20 0.01
KL22-04 408 411 0.73 7300 0.49 6.9 1280 1070 180 16 4 4 12.3 4.0 18 0.01
KL22-04 411 414 1.07 10700 0.25 27.3 15200 8400 1280 31 18 3 890 5.1 35 1.16
KL22-04 414 418 0.77 7700 0.45 17.5 11000 6000 1080 96 3 8 500 8.3 36 0.6
KL22-04 418 420.1 0.84 8400 0.39 13.5 8600 3500 1710 30 3 3 410 6.0 21 0.64
KL22-04 420.1 423 0.6 6000 0.65 3.1 760 376 170 28 1 6 12.2 2.0 62 0.01
KL22-04 423 426.1 0.62 6200 0.64 4 350 950 170 13 2 4 3.4 5.5 210 0.01
KL22-04 426.1 429.3 1.06 10600 0.78 17.1 2580 7800 670 29 5 6 18.7 9.1 26 0.39
KL22-04 429.3 432.5 0.7906 7906 0.47 4.6 820 600 70 11 2 3 13.9 4.3 25 0.01
KL22-04 432.5 435 0.66 6600 0.31 4.8 570 420 80 9 1 2 1.9 4.3 31 0.1
KL22-04 435 438 0.58 5800 0.3 2.6 293 302 50 15 2 4 0.01 5.3 25 0.01
KL22-04 438 439.8 0.73 7300 0.25 4.1 242 90 3 58 1 7 0.6 6.0 26 0.01
KL22-04 439.8 444 0.58 5800 0.5 4.4 8000 1270 51 44 0.01 10 8.6 4.3 26 0.54
KL22-04 444 447 0.82 8200 0.85 5.8 5100 1220 310 26 3 7 2.5 6.8 16 0.28
KL22-04 447 450 0.87 8700 0.87 2.2 134 34 3 52 2 10 0.01 4.8 24 0.01
KL22-04 450 453 0.76 7600 0.67 1.9 335 65 5 89 1 9 0.01 4.0 25 0.01
KL22-04 453 456 0.84 8400 1.36 2.6 70 40 6 34 3 4 2.3 7.8 25 0.01
KL22-04 456 459 1.03 10300 2.39 3.2 188 104 33 24 5 3 9.3 7.0 21 0.01
KL22-04 459 462 0.79 7900 1.06 2 64 32 1 54 2 8 0.01 4.5 38 0.01
KL22-04 462 465.8 0.83 8300 1.74 1.3 43 11 4 30 2 5 0.01 3.5 22 0.01
KL22-04 465.8 468 0.86 8600 1.03 1.4 40 12 1 16 2 5 0.01 7.3 40 0.01
KL22-04 468 471 0.95 9500 1.12 2 30 128 0.01 10 2 6 7.4 6.3 49 0.01
KL22-04 471 474 0.95 9500 0.87 1.1 159 8 17 19 1 4 0.01 3.8 75 0.01
KL22-04 474 477 0.84 8400 0.8 1.2 28 5 0.01 58 1 6 0.01 6.3 102 0.01
KL22-04 477 480 0.52 5200 0.35 1.1 40 11 2 32 0.01 7 0.01 2.6 76 0.01
KL22-05 213.1 216.1 0.403 4030 0.34 1.7 630 62 5 259 3 8 0.01 10.3 31 0.01
KL22-05 216.1 217.6 0.328 3280 3.06 2.3 1360 51 7 130 2 10 0.01 12.0 19 0.01
KL22-05 217.6 223.7 0.97 9700 1.68 3.2 6800 46 27 374 3 26 1 15.8 61 0.01
KL22-05 223.7 226.6 0.97 9700 1.68 3.2 6800 46 27 374 3 26 1 15.8 61 0.01
KL22-05 226.6 232.75 0.193 1930 0.67 1.5 600 261 19 710 68 10 0.01 10.8 69 0.01
KL22-05 232.75 235.6 0.193 1930 0.67 1.5 600 261 19 710 68 10 0.01 10.8 69 0.01



Appendix V - 67 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL22-05 235.6 241.6 0.62 6200 0.52 2.8 1220 32 16 155 1 20 0.01 9.5 70 0.01
KL22-05 241.6 244.7 0.054 540 0.06 0.01 1580 17 11 15 0.01 9 0.01 2.0 25 0.01
KL22-05 244.7 246.3 0.054 540 0.06 0.01 1580 17 11 15 0.01 9 0.01 2.0 25 0.01
KL22-05 246.3 250.7 2.07 20700 4.99 17.2 328 28 6 26 100 42 0.01 17.6 45 0.01
KL22-05 250.7 253.5 2.07 20700 4.99 17.2 328 28 6 26 100 42 0.01 17.6 45 0.01
KL22-05 253.5 255.6 2.07 20700 4.99 17.2 328 28 6 26 100 42 0.01 17.6 45 0.01
KL22-05 255.6 258.1 0.181 1810 0.11 2.3 1080 22 10 5 2 13 0.01 2.3 26 0.01
KL22-05 258.1 261.1 0.21 2100 0.22 3 4070 26 14 4 4 8 0.01 5.3 27 0.01
KL22-05 261.1 264.1 0.1 1000 0.05 1.5 2490 86 11 5 2 4 0.9 1.5 18 0.01
KL22-05 264.1 267.1 0.127 1270 0.14 3.5 11200 1190 10 4 20 9 0.8 10.6 35 0.01
KL22-05 267.1 270.1 1.44 14400 0.8 9.7 570 30 25 14 2 29 0.2 11.0 73 0.01
KL22-05 270.1 273.4 1.51 15100 0.87 2.4 260 22 10 144 0.01 18 0.7 7.5 80 0.1
KL22-05 273.4 276.1 0.57 5700 0.35 1.8 1700 26 36 610 8 14 3.8 9.0 96 0.1
KL22-05 276.1 279.1 0.98 9800 1.04 3.1 1210 18 18 107 6 32 0.01 13.1 82 0.01
KL22-05 279.1 282.1 0.81 8100 0.58 2.5 160 12 5 28 0.01 33 0.01 10.0 77 0.01
KL22-05 282.1 283.9 0.64 6400 0.36 1.2 252 20 2 18 0.01 19 0.01 6.8 58 0.01
KL22-05 283.9 285.1 3.3 33000 1.56 4.5 740 19 6 19 4 32 0.01 15.0 83 0.01
KL22-05 285.1 286.3 1.02 10200 0.64 1.4 256 26 0.01 5 1 46 0.01 7.0 76 0.01
KL22-05 286.3 286.9 6.04 60400 3.34 5.4 210 22 5 109 1 52 0.01 10.0 60 0.11
KL22-05 286.85 288.3 7.34 73400 5.62 8.9 243 23 3 148 2 90 0.01 22.0 70 0.01
KL22-05 288.3 291.6 1.65 16500 0.83 3.1 71 21 4 239 2 9 0.01 7.3 115 0.19
KL22-05 291.6 294 3.87 38700 8.89 8 60 29 0.01 182 3 22 0.01 7.0 132 0.1
KL22-05 294 296.45 7.47 74700 8.66 12.5 110 26 0.01 116 4 35 0.01 20.0 216 0.01
KL22-05 296.45 298.1 1.85 18500 3.14 3.4 56 8 1 75 4 9 0.01 7.1 314 0.1
KL22-05 298.1 299.7 0.64 6400 0.15 1.2 119 35 1 167 0.01 7 0.01 5.1 207 0.01
KL22-05 299.7 302.1 0.6 6000 0.26 1.2 31 5 0.01 130 0.01 8 0.01 6.0 146 0.01
KL22-05 302.1 304.3 1.73 17300 2.45 3.3 70 11 1 62 1 10 0.01 9.5 231 0.01
KL22-05 304.3 306.5 1.67 16700 1.95 3.5 69 10 4 28 0.01 12 0.01 9.5 182 0.1
KL22-05 306.5 308.9 1.46 14600 1.52 3.7 63 9 4 155 1 9 0.01 12.7 268 0.1
KL22-05 308.9 312 0.97 9700 1.47 3.1 50 12 1 52 2 13 0.01 10.5 197 0.01
KL22-05 312 315 1.06 10600 1.52 3.6 45 10 1 79 3 10 0.01 9.0 167 0.01
KL22-05 315 318 1.31 13100 1.63 2.9 41 11 0.01 90 1 13 0.01 8.0 183 0.01
KL22-05 318 321 0.83 8300 0.86 1.9 56 10 0.01 143 1 14 0.01 6.6 205 0.01
KL22-05 321 324 1.03 10300 1 2 54 10 2 124 1 12 0.01 9.3 171 0.01
KL22-05 324 327 1.02 10200 0.87 1.7 56 12 1 39 0.01 11 0.01 6.3 164 0.01
KL22-05 327 330 0.66 6600 0.6 1.3 63 10 0.01 29 0.01 11 0.01 4.5 139 0.01
KL22-05 330 333 0.565 5650 0.5 1.2 50 10 0.01 26 0.01 10 0.01 4.5 106 0.01
KL22-05 333 336 0.7 7000 0.52 1.3 68 16 0.01 42 0.01 15 0.01 5.5 97 0.01
KL22-05 336 339 0.65 6500 0.44 1.8 95 18 2 121 0.01 15 0.01 5.5 71 0.01
KL22-05 339 342 0.595 5950 0.51 1.1 67 17 0.01 35 0.01 13 0.01 4.0 80 0.01
KL22-05 342 345 0.69 6900 0.52 1.2 64 12 0.01 16 0.01 13 0.01 4.8 123 0.01
KL22-05 345 348 0.92 9200 0.59 3.7 830 860 76 15 2 10 2.2 8.3 100 0.21
KL22-05 348 350 0.88 8800 0.73 1.9 74 47 10 23 1 12 0.01 4.5 96 0.01
KL22-05 350 352.1 0.63 6300 0.43 4.6 100 76 140 57 1 11 1.6 3.3 82 0.1
KL22-05 352.1 354.7 0.65 6500 0.45 2 66 32 10 93 0.01 14 0.01 3.3 80 0.01
KL22-05 354.7 356.7 0.56 5600 0.37 1.2 54 17 1 36 1 12 2.1 3.0 93 0.01
KL22-05 356.7 358.7 0.65 6500 0.45 1.7 50 18 1 25 1 13 0.01 3.0 104 0.01
KL22-05 358.7 361.6 0.87 8700 0.72 1.7 60 27 3 11 0.01 13 0.01 4.8 106 0.01
KL22-05 361.6 364.6 0.56 5600 0.43 1 39 14 0.01 27 0.01 9 0.01 2.3 119 0.01
KL22-05 364.6 367.6 0.66 6600 0.64 1.7 89 40 3 97 0.01 21 1.1 4.0 114 0.01
KL22-05 367.6 370.6 1.47 14700 0.63 18.4 1160 23500 650 38 0.01 14 26 7.8 75 0.15
KL22-05 370.6 373.6 0.7 7000 0.62 1.6 66 8 4 56 0.01 18 0.01 4.1 113 0.01
KL22-05 373.6 376.6 0.89 8900 0.38 4.9 296 131 35 64 0.01 15 0.4 3.8 81 0.01
KL22-05 376.6 379.6 0.69 6900 0.35 2.5 174 58 6 61 0.01 15 0.01 2.9 78 0.01
KL22-05 379.6 382.6 1.01 10100 1.02 3.7 105 83 14 106 0.01 13 0.2 5.3 113 0.01
KL22-05 382.6 385.6 1.08 10800 0.8 18.7 4600 32100 900 47 0.01 11 47 22.5 118 0.43
KL22-05 385.6 388.6 1.1 11000 0.54 7.4 410 221 39 304 0.01 13 0.5 4.5 72 0.01
KL22-05 388.6 391.6 1.1 11000 0.8 8.4 580 255 110 82 1 11 1.7 3.3 66 0.01
KL22-05 391.6 394.6 1.67 16700 0.68 10.5 740 4700 540 79 0.01 15 15.7 4.0 70 0.2
KL22-05 394.6 397.6 0.65 6500 0.42 3.8 174 105 180 57 1 14 2.1 5.5 75 0.16
KL22-05 397.6 400.6 1.02 10200 0.57 10.9 740 343 220 67 0.01 14 10.3 7.5 125 0.01
KL22-05 400.6 403.6 0.71 7100 0.31 1.8 119 47 8 232 0.01 17 0.01 13.3 102 0.01
KL22-05 403.6 406.6 1.08 10800 0.64 3.3 163 45 5 127 0.01 19 0.01 10.5 91 0.01



Appendix V - 68 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL22-05 406.6 409.75 1.54 15400 1.4 3.8 105 36 12 184 2 17 0.6 9.3 134 0.01
KL22-05 409.75 412 1.12 11200 0.44 7.9 1480 600 450 13 1 6 7.8 6.4 271 0.01
KL22-05 412 415 1.02 10200 0.21 18.5 3200 1560 2050 14 0.01 5 66 5.8 296 0.59
KL22-05 415 418 0.76 7600 0.15 9.7 1370 510 1670 17 1 7 90 3.5 201 0.61
KL22-05 418 421 1.04 10400 0.28 14.6 24300 4900 2900 19 10 7 40 5.8 188 3.07
KL22-05 421 424 0.78 7800 0.42 4.2 409 221 210 80 1 8 1.6 4.5 131 0.01
KL22-05 424 427 0.78 7800 0.52 2.7 175 72 28 28 0.01 13 0.9 5.5 140 0.01
KL22-05 427 430 0.86 8600 0.83 1.9 70 22 20 29 0.01 9 0.5 5.3 240 0.01
KL22-05 430 433 1.27 12700 1.05 2.2 46 15 5 21 0.01 11 0.7 5.5 215 0.1
KL22-05 433 436 0.68 6800 0.57 2.1 43 18 4 18 0.01 7 0.01 4.3 235 0.01
KL22-05 436 439 0.78 7800 0.67 1.9 37 14 3 13 0.01 9 0.01 3.5 265 0.01
KL22-05 439 442 0.7 7000 0.42 3 40 23 9 26 0.01 10 0.01 3.5 196 0.01
KL22-05 442 445 0.63 6300 0.19 2.8 360 127 62 15 0.01 9 0.8 4.4 205 0.01
KL22-05 445 448 0.66 6600 0.34 1.9 66 24 9 28 0.01 9 1.6 4.0 276 0.01
KL22-05 448 451 0.412 4120 0.28 1 54 23 3 27 0.01 10 0.01 4.0 193 0.01
KL22-05 451 454 0.45 4500 0.26 1.2 177 90 4 25 0.01 10 0.5 4.5 149 0.01
KL22-05 454 457 0.466 4660 0.36 1.3 95 18 1 22 0.01 8 0.01 3.8 115 0.01
KL22-05 457 460 0.63 6300 0.5 1.4 34 21 3 25 0.01 10 0.3 5.3 135 0.01
KL22-05 460 463 0.755 7550 0.76 1.7 28 10 4 26 0.01 8 0.01 6.5 70 0.01
KL22-05 463 466 0.54 5400 0.31 1.6 58 9 23 46 0.01 12 0.01 7.3 140 0.01
KL22-05 466 469 0.69 6900 0.39 3.3 379 85 170 71 0.01 13 10.9 4.8 35 0.01
KL22-05 469 472 0.85 8500 0.6 1.7 62 14 7 79 0.01 9 0.01 6.0 81 0.01
KL22-05 472 475.4 0.77 7700 0.43 1.5 40 6 1 30 0.01 0.01 0.01 4.0 72 0.01
KL22-05 475.4 478.5 0.97 9700 0.53 2 46 5 3 51 0.01 8 0.01 5.0 83 0.01
KL22-05 478.5 480.1 1.07 10700 0.45 1.9 60 22 6 44 0.01 12 0.01 5.8 74 0.01
KL22-05 480.1 483.8 1 10000 0.57 3 74 23 6 36 0.01 10 0.3 6.0 80 0.01
KL22-05 483.8 487.1 1.04 10400 0.59 3 86 16 5 41 0.01 13 1 7.0 109 0.01
KL22-05 487.1 490.6 0.78 7800 0.45 2.4 74 13 2 45 0.01 13 0.01 5.3 181 0.01
KL22-05 490.6 499.4 1.28 12800 0.83 2.3 45 14 2 53 0.01 14 0.01 5.5 107 0.01
KL22-05 499.4 502.6 1.44 14400 0.65 3.7 87 12 4 140 0.01 20 1.2 5.8 97 0.01
KL22-05 502.6 505.1 0.91 9100 0.48 2.9 56 13 2 89 0.01 14 0.01 5.5 89 0.01
KL22-05 505.1 508.6 1.4 14000 0.84 2.5 52 17 2 60 0.01 16 0.01 4.5 80 0.01
KL22-05 508.6 511.6 1.08 10800 0.54 2.3 49 13 2 111 0.01 12 0.6 5.9 94 0.01
KL22-05 511.6 514.6 0.93 9300 0.38 2.4 58 14 2 80 0.01 10 0.01 6.0 76 0.01
KL22-05 514.6 517.6 0.52 5200 0.27 1.7 55 12 2 281 0.01 11 0.01 4.0 77 0.01
KL22-05 517.6 520.1 0.62 6200 0.28 1.9 55 11 3 76 0.01 11 0.01 5.3 89 0.01
KL22-05 520.1 523.6 0.481 4810 0.25 2 58 12 3 60 1 9 0.01 4.3 76 0.01
KL22-05 523.6 526.6 0.66 6600 0.39 1.8 56 12 4 106 1 10 0.01 6.0 62 0.01
KL22-05 526.6 529.6 1.01 10100 0.44 2.7 94 61 4 120 1 15 0.6 7.5 185 0.01
KL22-05 529.6 532.6 0.89 8900 0.44 2.4 80 29 7 102 1 14 0.4 7.0 91 0.01
KL22-05 532.6 535.6 0.86 8600 0.35 5.2 910 399 580 145 1 11 24 4.7 61 0.24
KL22-05 535.6 539.7 1.09 10900 0.57 2.3 81 60 17 117 0.01 12 1.2 5.6 150 0.01
KL22-05 539.7 542.2 0.442 4420 0.17 1.3 137 42 27 240 1 14 0.4 3.8 153 0.01
KL22-05 542.2 544.8 0.394 3940 0.2 1.4 58 42 8 90 0.01 13 0.3 2.3 175 0.01
KL22-05 544.8 547.5 0.86 8600 0.42 2.4 50 28 6 135 0.01 11 0.01 5.5 220 0.01
KL22-05 547.5 550.3 0.95 9500 0.42 2.2 84 51 8 113 0.01 9 0.4 5.0 202 0.01
KL22-05 550.3 553.5 1 10000 0.39 2.5 112 86 28 150 0.01 12 1 6.0 205 0.01
KL22-05 553.5 556.6 0.86 8600 0.42 2 51 36 3 117 0.01 11 0.01 7.3 232 0.01
KL22-05 556.6 559.6 0.96 9600 0.4 2.4 68 61 34 268 0.01 16 0.9 5.0 221 0.01
KL22-05 559.6 562.4 0.99 9900 0.25 2.6 239 120 67 203 0.01 13 2.3 5.5 85 0.01
KL22-05 562.4 565.6 1.03 10300 0.53 2.3 58 42 12 209 0.01 13 1.2 7.0 81 0.01
KL22-05 565.6 568.2 4.18 41800 1.37 10.7 230 30 8 700 0.01 46 0.7 10.0 95 0.01
KL22-05 568.2 573.1 3.44 34400 1.75 9.2 276 43 17 151 0.01 42 0.2 13.0 48 0.01
KL22-05 573.1 575.6 7.21 72100 4.4 12.5 394 34 22 157 0.01 105 0.01 8.0 23 0.01
KL22-05 575.6 578.5 2.7 27000 1.64 5.7 302 30 13 168 0.01 83 0.01 12.0 28 0.01
KL22-05 578.5 580.6 4.17 41700 2.99 9.4 254 20 41 26 0.01 73 0.01 8.0 32 0.1
KL22-05 580.6 583.3 2.06 20600 1.64 4.1 154 20 42 51 0.01 36 0.01 7.5 28 0.01
KL22-05 583.3 586.3 0.57 5700 0.68 0.9 139 26 10 90 1 43 0.01 4.2 31 0.01
KL22-05 586.3 589 1.35 13500 1.04 3.7 201 24 3 34 1 69 0.01 4.2 43 0.01
KL22-05 589 591.2 1.13 11300 1.32 1.8 149 24 15 0.01 1 46 0.3 9.0 40 0.01
KL22-05 591.2 593.4 2.1 21000 1.94 4.5 256 26 26 4 1 63 1.3 17.0 47 0.01
KL22-05 593.4 595.5 2.15 21500 2.04 4.8 420 24 5 0.01 0.01 94 0.5 13.5 47 0.01
KL22-05 595.5 597.9 4.34 43400 2.86 11.6 960 25 0.01 0.01 0.01 130 0.2 13.5 45 0.01



Appendix V - 69 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL22-05 597.9 601.6 2.28 22800 2.4 5.5 1040 24 1 0.01 0.01 118 0.3 20.0 35 0.01
KL22-05 601.6 604.6 2.52 25200 2.44 6.1 900 22 1 0.01 0.01 142 0.3 26.0 20 0.01
KL22-05 604.6 607.6 2.33 23300 2.06 7 1280 26 2 0.01 0.01 59 0.01 4.5 38 0.01
KL22-05 607.6 611.55 2.55 25500 2.02 6.9 890 25 2 0.01 0.01 76 0.9 23.0 24 0.01
KL22-05 611.55 613.6 2.03 20300 1.28 5 430 21 3 0.01 0.01 56 0.01 14.0 26 0.01
KL22-05 613.6 616.6 1.46 14600 1.75 3.8 340 20 6 0.01 1 51 0.01 14.2 18 0.01
KL22-05 616.6 619.6 1.52 15200 1.29 3.5 338 18 3 0.01 0.01 60 0.01 14.7 12 0.01
KL22-05 619.6 622.45 2.96 29600 3.32 9.7 730 20 2 18 3 64 0.3 18.0 24 0.01
KL22-05 622.45 624.5 3.06 30600 2.45 12.1 1860 21 7 8 2 39 0.01 18.0 28 0.01
KL22-05 624.5 628.6 0.438 4380 0.78 3.7 3370 16 6 3 8 20 0.5 6.2 28 0.01
KL22-05 628.6 631.6 0.297 2970 0.13 1.7 285 18 7 2 2 7 0.01 2.6 12 0.01
KL22-05 631.6 634.6 0.088 880 0.07 0.7 180 18 9 15 2 7 0.6 1.2 17 0.01
KL22-05 634.6 637.6 0.437 4370 0.47 1.9 440 42 9 0.01 3 10 0.4 6.2 18 0.01
KL22-05 637.6 640.6 0.21 2100 0.36 2.3 311 12 14 0.01 1 6 0.2 1.0 23 0.01
KL22-05 640.6 643.6 0.086 860 0.09 0.01 115 24 4 0.01 3 3 0.01 2.0 10 0.01
KL22-05 643.6 646.6 0.0198 198 0.01 0.01 156 19 4 0.01 0.01 3 0.01 0.5 14 0.01
KL22-05 646.6 649.6 0.036 360 0.01 0.01 102 16 3 16 0.01 4 0.01 1.0 13 0.01
KL22-05 649.6 652.6 0.063 630 0.05 0.01 126 19 5 17 1 3 0.3 1.5 21 0.01
KL22-05 652.6 654.7 0.23 2300 0.18 1.5 219 15 9 11 1 8 0.01 3.1 18 0.01
KL22-05 654.7 658.6 0.339 3390 0.2 1.8 210 12 9 13 0.01 12 0.01 4.2 20 0.01
KL22-05 658.6 662 0.68 6800 0.36 3.7 375 13 5 13 1 17 0.01 7.0 37 0.01
KL22-05 662 664.4 0.384 3840 0.21 1.6 256 10 8 10 2 11 0.4 5.2 34 0.01
KL22-05 664.4 667.5 0.089 890 0.17 0.8 198 15 5 12 3 6 0.2 2.2 22 0.01
KL22-05 667.5 670.4 0.152 1520 0.09 1.8 247 13 5 0.01 0.01 7 0.01 1.0 20 0.01
KL22-05 670.4 673.6 0.0345 345 0.01 0.01 150 17 3 6 0.01 6 0.01 1.5 20 0.01
KL22-05 673.6 676.6 0.289 2890 0.13 1.8 225 17 3 10 1 7 0.01 4.5 15 0.01
KL22-05 676.6 679.6 0.268 2680 0.12 2.3 251 16 4 6 2 7 0.01 3.5 16 0.01
KL22-05 679.6 682.6 0.048 480 0.02 0.01 135 17 3 8 0.01 4 0.4 0.7 11 0.01
KL22-05 682.6 685.6 0.065 650 0.02 0.01 138 20 4 10 0.01 5 2.2 1.2 12 0.01
KL22-05 685.6 688.6 0.0223 223 0.01 0.01 120 16 2 0.01 0.01 4 0.01 0.0 11 0.01
KL22-05 688.6 691.6 0.048 480 0.02 0.6 111 21 3 12 2 3 0.01 0.5 10 0.01
KL22-05 691.6 694.6 0.046 460 0.01 0.01 118 17 2 3 1 3 0.01 0.0 8 0.01
KL22-05 694.6 697.6 0.066 660 0.02 0.5 222 20 4 11 2 4 0.01 0.9 13 0.01
KL22-05 697.6 699.25 0.187 1870 0.06 1.6 246 26 4 5 4 4 0.01 3.0 14 0.01
KL22-05 699.25 703.85 0.265 2650 0.11 2.9 380 22 8 14 4 5 0.01 6.7 30 0.01
KL22-05 703.85 706.6 0.116 1160 0.03 1 159 18 6 8 1 6 0.01 2.7 15 0.01
KL22-05 706.6 709.6 0.086 860 0.03 1 228 21 4 10 1 3 0.01 0.0 15 0.01
KL22-05 709.6 712.6 0.0098 98 0.11 3 1300 1090 26 23 3 2 1.3 2.0 12 0.01
KL22-05 712.6 715.6 0.12 1200 0.07 1.3 276 36 4 4 0.01 4 0.01 2.0 16 0.01
KL22-05 715.6 718.6 0.286 2860 0.13 2.4 317 20 7 44 0.01 7 0.01 8.0 18 0.01
KL22-05 718.6 721.15 0.498 4980 0.25 4.1 800 22 5 6 0.01 17 0.01 6.3 27 0.01
KL22-05 721.15 724.6 1.06 10600 0.86 3.5 344 93 3 16 0.01 19 0.01 4.0 17 0.01
KL22-05 724.6 727.6 0.439 4390 0.3 1.3 132 117 0.01 10 0.01 8 0.01 1.0 13 0.01
KL22-05 727.6 730.6 0.78 7800 0.38 2.5 107 20 4 63 0.01 14 0.01 3.7 21 0.01
KL22-05 730.6 733.6 0.21 2100 0.07 0.01 17 11 1 50 0.01 3 0.01 1.2 38 0.01
KL22-05 733.6 736.6 0.435 4350 0.05 0.8 23 12 1 49 0.01 6 0.01 3.5 16 0.01
KL22-05 736.6 741.5 1.01 10100 0.14 4.8 53 18 1 41 0.01 9 0.01 4.7 15 0.01
KL22-05 741.5 745.6 0.91 9100 0.4 3.7 394 23 4 6 0.01 22 0.01 7.4 32 0.01
KL22-05 745.6 748.6 1.43 14300 1.04 7.5 1900 43 1 6 0.01 38 0.01 8.1 42 0.01
KL22-05 748.6 751.6 0.223 2230 0.12 1.1 164 14 1 11 0.01 6 0.01 3.7 26 0.01
KL22-05 751.6 754.6 0.6 6000 0.4 2 276 13 3 5 1 20 0.01 7.7 29 0.01
KL22-05 754.6 757.6 0.96 9600 0.39 2.5 374 21 0.01 6 0.01 32 0.01 11.0 35 0.01
KL22-05 757.6 760.6 0.94 9400 0.39 4.5 750 13 1 6 0.01 17 0.01 5.7 31 0.01
KL22-05 760.6 763.6 0.93 9300 0.48 3.4 126 9 1 16 0.01 14 0.01 4.7 33 0.01
KL22-05 763.6 766.6 0.486 4860 0.21 2 116 10 1 12 0.01 11 0.01 4.0 40 0.01
KL22-05 766.6 769.6 0.65 6500 0.33 2.6 170 11 3 12 0.01 14 0.3 7.3 38 0.01
KL22-05 769.6 772.6 0.359 3590 0.21 1.2 62 8 1 9 0.01 12 0.01 2.7 35 0.01
KL22-05 772.6 775.2 0.6 6000 0.33 2 75 10 2 31 0.01 14 0.01 3.5 26 0.01
KL22-05 775.2 778.75 0.183 1830 0.07 1.6 24 10 2 30 0.01 6 0.01 2.7 26 0.01
KL22-05 778.75 780.7 0.113 1130 0.01 0.01 19 9 3 190 0.01 6 0.01 0.7 44 0.01
KL22-05 780.7 783.2 0.69 6900 0.35 4 730 11 5 4 0.01 16 0.01 4.7 52 0.01
KL22-05 783.2 785.65 0.299 2990 0.2 1.4 125 11 6 26 0.01 11 0.01 1.2 31 0.01
KL22-05 785.65 787.6 0.7 7000 0.21 1.6 47 18 2 144 0.01 12 0.6 4.4 65 0.01



Appendix V - 70 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL22-05 787.6 790.6 0.269 2690 0.19 1 35 9 0.01 71 0.01 6 0.01 1.7 15 0.01
KL22-05 790.6 793.6 0.339 3390 0.26 1.1 44 10 3 64 0.01 6 1 1.5 115 0.01
KL22-05 793.6 797.4 0.321 3210 0.14 4.6 950 530 82 145 3 5 46 1.5 153 0.1
KL22-05 797.4 799.6 0.792 7920 0.51 4.6 286 137 70 1950 3 13 18.3 5.0 61 0.1
KL22-05 799.6 802.6 0.494 4940 0.2 1.4 68 18 4 278 0.01 9 0.5 3.5 46 0.01
KL22-05 802.6 804.45 0.925 9250 0.32 1.8 64 11 2 850 0.01 8 0.01 4.2 59 0.01
KL22-05 804.45 808.6 0.28 2800 0.09 1.2 35 12 1 189 0.01 5 1.2 0.5 42 0.01
KL22-05 808.6 811.6 0.373 3730 0.16 1.1 36 9 1 172 0.01 7 0.3 1.7 36 0.01
KL22-05 811.6 814.6 0.21 2100 0.09 0.8 28 8 1 131 0.01 3 0.4 0.0 15 0.01
KL22-05 814.6 817.6 0.53 5300 0.19 1.3 61 32 1 189 0.01 9 0.6 3.0 16 0.01
KL22-05 817.6 820.6 1.2 12000 0.21 2.1 73 11 1 72 0.01 18 0.3 3.0 15 0.01
KL22-05 820.6 823.6 0.477 4770 0.13 1 41 6 1 47 0.01 6 0.4 4.2 16 0.01
KL22-05 823.6 826.1 0.82 8200 0.36 1.6 66 9 4 9 0.01 14 0.4 7.3 23 0.01
KL22-05 826.1 829.6 2.08 20800 0.6 2 181 13 3 5 0.01 27 0.2 7.0 55 0.01
KL22-05 829.6 832.6 1.73 17300 0.51 5.7 307 15 1 10 0.01 31 0.3 12.0 51 0.01
KL22-05 832.6 837.05 1.03 10300 0.36 4.9 710 14 3 22 0.01 19 0.4 10.5 31 0.01
KL22-05 837.05 841.6 0.155 1550 0.05 0.9 165 13 3 8 0.01 2 0.3 2.0 28 0.01
KL22-05 841.6 844.6 1.04 10400 0.31 4.8 730 13 2 65 0.01 13 0.2 7.5 25 0.01
KL22-05 844.6 847.6 0.767 7670 0.29 5.5 750 14 1 40 0.01 10 0.01 11.3 27 0.01
KL22-05 847.6 850.6 1.08 10800 0.33 4.6 930 12 3 13 0.01 14 0.01 10.7 32 0.01
KL22-05 850.6 853.6 0.76 7600 0.2 3.8 1000 10 2 3 0.01 14 0.2 8.0 56 0.01
KL22-05 853.6 856.6 0.52 5200 0.18 3.8 700 24 4 4 0.01 12 0.01 6.7 39 0.01
KL22-05 856.6 859.6 0.99 9900 0.31 5.1 890 11 1 39 0.01 19 0.2 7.0 36 0.01
KL22-05 859.6 862.6 0.705 7050 0.36 3.1 420 9 3 13 0.01 16 0.01 7.0 22 0.01
KL22-05 862.6 865.6 1.7 17000 0.43 5.1 388 9 3 74 0.01 20 0.01 8.0 32 0.01
KL22-05 865.6 868.6 0.23 2300 0.1 0.7 224 14 2 14 0.01 4 0.01 3.2 36 0.01
KL22-05 868.6 871.6 0.497 4970 0.11 2.2 460 11 2 6 0.01 7 0.01 5.4 38 0.01
KL22-06 221.9 225.1 0.36 3600 0.41 1.4 106 35 11 1150 0.01 11 0.5 11.0 20 0.01
KL22-06 225.1 232.6 1.12 11200 1.87 3.9 760 60 100 1375 4 17 2 16.0 22 0.2
KL22-06 232.6 233.4 1.95 19500 1.7 3.5 288 30 10 1860 1 25 0.5 17.0 30 0.01
KL22-06 233.4 235.6 1.95 19500 1.7 3.5 288 30 10 1860 1 25 0.5 17.0 30 0.01
KL22-06 235.6 238.6 1.95 19500 1.7 3.5 288 30 10 1860 1 25 0.5 17.0 30 0.01
KL22-06 238.6 240.85 1.9 19000 2.12 8.7 3800 25 11 100 2 40 0.01 12.0 17 0.01
KL22-06 240.85 241.6 1.9 19000 2.12 8.7 3800 25 11 100 2 40 0.01 12.0 17 0.01
KL22-06 241.6 245 0.995 9950 0.9 4.2 3400 40 4 41 1 50 0.3 17.3 23 0.01
KL22-06 245 250.6 0.995 9950 0.9 4.2 3400 40 4 41 1 50 0.3 17.3 23 0.01
KL22-06 250.6 254.6 0.877 8770 0.58 2.3 760 21 2 10 0.01 43 0.2 10.3 25 0.01
KL22-06 254.6 257.65 0.877 8770 0.58 2.3 760 21 2 10 0.01 43 0.2 10.3 25 0.01
KL22-06 257.65 259.6 0.289 2890 0.2 3.1 3200 16 7 2 0.01 12 0.2 8.9 19 0.01
KL22-06 259.6 262.15 0.289 2890 0.2 3.1 3200 16 7 2 0.01 12 0.2 8.9 19 0.01
KL22-06 262.15 264.3 0.578 5780 0.56 5.2 3200 19 9 28 0.01 21 0.01 12.3 39 0.01
KL22-06 264.3 268.3 1.36 13600 1.2 3 2700 14 3 5 4 54 0.3 14.0 15 0.01
KL22-06 268.3 271.6 1.46 14600 1.33 7.1 1140 17 7 15 0.01 41 0.01 12.0 31 0.01
KL22-06 271.6 273.6 1.46 14600 1.33 7.1 1140 17 7 15 0.01 41 0.01 12.0 31 0.01
KL22-06 273.6 275.4 2.08 20800 2.52 11.8 780 16 0.01 53 1 76 0.01 17.0 19 0.01
KL22-06 275.4 278.5 0.54 5400 0.51 3.9 710 15 3 30 0.01 32 0.01 6.3 18 0.01
KL22-06 278.5 280.6 0.55 5500 0.44 1.4 241 16 3 42 0.01 33 0.01 7.0 34 0.01
KL22-06 280.6 283.9 0.59 5900 0.55 1.2 211 15 0.01 82 0.01 43 0.01 5.8 22 0.01
KL22-06 283.9 285.9 2.28 22800 1.7 4.2 212 13 0.01 250 0.01 71 0.01 19.0 26 0.01
KL22-06 285.9 289.25 1.38 13800 1.22 2 124 12 0.01 510 1 55 0.01 11.5 36 0.01
KL22-06 289.25 292.8 3.09 30900 2.15 4.5 67 13 1 26 2 29 0.01 22.0 146 0.01
KL22-06 292.8 294.6 0.46 4600 0.3 1.2 51 18 3 74 0.01 6 0.01 3.5 98 0.01
KL22-06 294.6 297.6 1.29 12900 1.25 2.1 37 23 2 34 0.01 13 0.01 9.5 115 0.01
KL22-06 297.1 297.6 1.5 15000 1.4 3.9 1140 22 2 39 2 51 0.3 16.5 51 0.01
KL22-06 297.6 300.1 1.52 15200 1.41 2.5 95 46 1 14 0.01 7 0.3 11.3 185 0.01
KL22-06 300.1 303.1 1.41 14100 1.31 2.4 64 10 0.01 25 1 5 0.2 7.0 74 0.01
KL22-06 303.1 306.1 0.84 8400 0.73 1.7 49 16 1 21 1 7 0.2 6.0 135 0.01
KL22-06 306.1 309.1 1.01 10100 1.02 2.2 42 12 0.01 23 3 9 0.01 5.9 125 0.01
KL22-06 309.1 312.1 1.19 11900 1.3 2.3 132 30 1 21 2 14 0.01 12.8 106 0.01
KL22-06 312.1 315.1 0.77 7700 0.56 1.3 45 13 0.01 35 1 13 0.01 4.5 106 0.01
KL22-06 315.1 318.1 0.76 7600 0.59 1.8 44 11 1 33 1 9 0.01 6.8 101 0.01
KL22-06 318.1 321.1 0.92 9200 0.84 1.6 45 12 2 113 1 13 0.01 5.8 54 0.01
KL22-06 321.1 324.1 0.963 9630 1.33 2.2 44 12 2 70 2 11 0.01 7.3 80 0.01



Appendix V - 71 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL22-06 324.1 327.1 1.1 11000 1.19 1.9 80 16 2 29 0.01 10 0.01 10.3 65 0.01
KL22-06 327.1 330.1 0.87 8700 0.97 1.3 44 10 1 13 0.01 8 0.01 7.8 97 0.01
KL22-06 330.1 333.1 0.952 9520 1.12 2.1 54 12 4 50 2 10 0.01 6.0 79 0.01
KL22-06 333.1 336.1 0.974 9740 0.47 2 36 12 5 38 1 8 0.01 8.3 70 0.01
KL22-06 336.1 339.6 1.38 13800 0.87 2.5 39 36 7 37 1 12 1.1 7.5 65 0.01
KL22-06 339.6 342.7 1.09 10900 0.63 3.4 78 70 320 86 20 12 3.5 7.5 68 0.14
KL22-06 342.7 345.6 1.14 11400 0.46 7 256 121 2600 59 46 7 8.2 11.0 76 0.26
KL22-06 345.6 348.1 0.87 8700 0.49 4.5 329 184 1100 67 52 11 11.5 8.5 68 0.34
KL22-06 348.1 351.1 0.67 6700 0.46 4.1 710 386 620 50 8 10 8.1 7.0 42 0.39
KL22-06 351.1 354.1 1.07 10700 1.47 2.3 36 18 23 36 0.01 8 0.2 10.3 59 0.01
KL22-06 354.1 357.1 0.84 8400 1.06 1.2 47 30 4 33 1 8 0.2 7.3 82 0.01
KL22-06 357.1 360.6 0.75 7500 0.74 1 35 15 10 72 1 10 0.01 6.5 65 0.01
KL22-06 360.6 363.4 0.63 6300 0.44 0.9 37 16 6 52 0.01 11 0.01 4.5 66 0.01
KL22-06 363.4 365.9 0.83 8300 0.66 1.7 45 23 7 40 1 13 0.01 6.1 73 0.01
KL22-06 365.9 368.1 0.78 7800 0.58 0.9 42 10 5 34 1 13 0.01 3.8 66 0.01
KL22-06 368.1 371.1 0.53 5300 0.34 0.9 55 16 3 26 1 14 0.01 3.5 78 0.01
KL22-06 371.1 375.8 0.74 7400 0.53 1.1 40 21 4 41 2 12 0.01 4.8 75 0.01
KL22-06 375.8 378.1 0.5 5000 0.4 0.9 42 15 10 71 1 12 0.2 3.0 68 0.01
KL22-06 378.1 380.8 0.74 7400 0.49 1.2 53 31 10 710 1 25 0.3 5.9 68 0.01
KL22-06 380.8 382.6 0.68 6800 0.59 1 56 16 8 975 0.01 14 0.01 7.8 85 0.01
KL22-06 382.6 385.6 0.65 6500 0.46 1.3 52 16 240 640 1 10 5.1 5.8 62 0.01
KL22-06 385.6 387.1 0.87 8700 0.62 1.7 42 19 42 75 0.01 12 1.4 11.8 65 0.01
KL22-06 387.1 389 0.78 7800 0.52 1.8 199 172 1580 115 2 10 23 11.0 29 0.15
KL22-06 389 391.6 0.78 7800 0.9 1.9 58 19 660 145 0.01 12 4 8.5 46 0.16
KL22-06 391.6 394.6 0.78 7800 0.51 1.2 52 11 8 435 0.01 11 0.01 4.8 83 0.01
KL22-06 394.6 397.6 0.74 7400 0.78 1.5 55 18 59 73 0.01 11 0.01 4.5 75 0.44
KL22-06 397.6 400.8 0.89 8900 0.78 1.3 48 9 37 314 0.01 15 0.01 7.6 131 0.33
KL22-06 400.8 403.4 0.877 8770 0.55 1 46 7 3 343 0.01 14 0.01 5.3 98 0.01
KL22-06 403.4 406.6 0.82 8200 0.54 1.2 46 10 4 138 0.01 14 0.01 3.8 103 0.1
KL22-06 406.6 409.6 1.4 14000 0.6 1.8 73 9 3 129 0.01 18 0.01 2.5 91 0.01
KL22-06 409.6 412.6 1.68 16800 0.67 2.3 96 20 4 480 0.01 17 0.01 2.5 87 0.01
KL22-06 412.6 415.6 1.41 14100 0.68 1.6 70 10 4 73 1 18 0.01 8.5 91 0.01
KL22-06 415.6 418.6 1.43 14300 0.55 1.4 76 10 3 460 0.01 14 0.01 3.5 73 0.01
KL22-06 418.6 421.6 1.15 11500 0.49 1.2 81 13 3 715 0.01 13 0.01 3.5 72 0.01
KL22-06 421.6 424.6 0.68 6800 0.48 0.9 46 10 4 565 0.01 12 0.01 5.0 87 0.01
KL22-06 424.6 426.55 0.61 6100 0.3 0.9 42 10 3 360 0.01 11 0.01 3.5 86 0.01
KL22-06 426.55 430.6 0.55 5500 0.22 0.9 50 16 38 850 0.01 12 0.3 4.3 91 0.01
KL22-06 430.6 433.6 0.36 3600 0.12 0.01 50 16 6 1260 0.01 11 0.01 4.3 82 0.01
KL22-06 433.6 437.75 0.75 7500 2.38 2 118 28 17 860 0.01 12 0.2 7.5 73 0.01
KL22-06 437.75 441.3 0.33 3300 0.28 0.6 48 14 5 246 0.01 9 0.01 2.5 76 0.01
KL22-06 441.3 445.05 0.62 6200 0.43 1.3 60 18 5 610 0.01 12 0.01 5.3 100 0.01
KL22-06 445.05 447.35 1.68 16800 0.97 3.7 168 12 7 146 0.01 40 0.01 18.5 62 0.01
KL22-06 447.35 451.4 2.65 26500 1.46 7 165 16 15 48 0.01 56 0.4 26.5 80 0.01
KL22-06 451.4 454.6 3.03 30300 3.13 12.8 231 14 8 78 1 36 0.01 12.0 72 0.01
KL22-06 454.6 456.9 0.23 2300 0.22 0.8 48 18 20 35 0.01 10 0.01 7.5 55 0.01
KL22-06 456.9 458.9 0.142 1420 0.13 0.01 30 14 11 32 2 5 0.01 6.8 73 0.01
KL22-06 458.9 460.6 0.113 1130 0.11 0.01 27 16 5 795 2 4 0.01 6.8 87 0.01
KL22-06 460.6 463.6 0.43 4300 0.45 0.9 78 19 9 44 1 11 0.01 10.0 141 0.01
KL22-06 463.6 466.6 0.52 5200 0.72 1.7 79 18 22 12 2 26 0.01 10.8 100 0.01
KL22-06 466.6 469.6 0.68 6800 0.79 1.8 86 23 27 30 2 36 0.01 9.3 79 0.01
KL22-06 469.6 472.6 0.86 8600 0.43 1.4 78 14 24 78 0.01 41 0.01 9.8 62 0.01
KL22-06 472.6 475.6 1.41 14100 1.28 3.9 104 12 13 15 0.01 89 0.01 15.5 76 0.01
KL22-06 475.6 478.6 0.6 6000 0.43 1.4 240 23 28 106 0.01 78 0.01 9.3 90 0.01
KL22-06 478.6 481.6 0.28 2800 0.29 0.7 87 14 39 34 0.01 71 0.01 3.3 112 0.01
KL22-06 481.6 484.6 0.66 6600 1.3 2.7 164 20 40 201 0.01 71 0.01 6.2 73 0.01
KL22-06 484.6 487.6 0.81 8100 1.26 3 164 20 90 81 0.01 50 0.4 13.5 78 0.01
KL22-06 487.6 490.6 0.145 1450 0.26 0.01 45 10 21 235 0.01 18 0.01 2.8 73 0.01
KL22-06 490.6 493.6 0.37 3700 0.6 0.7 60 9 27 90 0.01 11 0.01 5.8 86 0.01
KL22-06 493.6 496.6 0.3 3000 0.57 1.1 53 10 37 100 0.01 5 0.01 3.0 79 0.01
KL22-06 496.6 499.6 1.8 18000 1.15 2 134 10 29 61 0.01 14 0.01 3.5 65 0.01
KL22-06 499.6 502.6 0.38 3800 0.36 0.01 63 9 26 36 0.01 4 0.01 4.5 85 0.01
KL22-06 502.6 505.6 0.21 2100 0.42 1 45 10 26 19 0.01 5 0.01 5.0 62 0.01
KL22-06 505.6 508.6 0.15 1500 0.26 0.01 27 9 22 30 0.01 3 0.01 2.0 100 0.01



Appendix V - 72 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL22-06 508.6 511.6 0.172 1720 0.22 0.01 43 14 34 34 0.01 4 0.01 2.5 72 0.01
KL22-06 511.6 514.6 0.0332 332 0.03 0.01 27 16 21 43 0.01 3 0.01 1.1 43 0.01
KL22-06 514.6 517.6 0.063 630 0.13 0.01 27 14 10 260 1 3 0.01 1.6 62 0.01
KL22-06 517.6 520.6 0.092 920 0.23 0.01 32 15 5 209 1 4 0.01 1.5 64 0.01
KL22-06 520.6 523.6 0.084 840 0.24 0.01 28 13 11 700 0.01 3 0.01 2.5 57 0.01
KL22-06 523.6 526.6 0.041 410 0.15 0.01 26 14 13 1250 0.01 2 0.01 2.0 48 0.01
KL22-06 526.6 529.6 0.0165 165 0.04 0.01 24 17 35 900 0.01 3 0.01 1.0 66 0.01
KL22-06 529.6 532.6 0.053 530 0.86 0.8 49 30 39 74 0.01 2 0.01 1.8 50 0.01
KL22-06 532.6 535.6 1.82 18200 2.1 5.8 191 15 52 230 2 11 0.01 23.5 50 0.01
KL22-06 535.6 538 0.94 9400 0.59 3.1 131 14 18 38 1 10 0.01 8.5 38 0.01
KL22-06 538 541.6 5.36 53600 2.45 27.2 1710 46 180 66 10 58 0.4 17.0 41 0.1
KL22-06 541.6 544.6 2.08 20800 0.88 6 234 68 420 38 3 16 3.5 20.5 53 0.01
KL22-06 544.6 547.6 1.61 16100 0.48 4.9 1010 269 2400 30 3 11 5.6 16.0 36 0.01
KL22-06 547.6 549 3.1 31000 0.62 4.3 2100 810 450 38 3 16 6.3 43.5 88 0.01
KL22-06 549 552.3 0.04 400 0.02 0.01 950 780 16 6 1 2 0.01 3.3 14 0.01
KL22-07 0 4 0.0016 16 0.03 0.01 280 35 7 0.01 0.01 0.01 0.7 1.3 20 0.01
KL22-07 4 6.1 0.005 50 0.15 0.01 126 29 8 0.01 0.01 0.01 0.7 1.2 23 0.01
KL22-07 6.1 8.5 0.0015 15 0.28 1.1 99 24 15 0.01 0.01 0.01 1.2 2.6 24 0.01
KL22-07 8.5 11.5 0.0012 12 0.16 0.5 109 18 14 0.01 0.01 0.01 0.8 2.2 31 0.01
KL22-07 11.5 14.5 0.0027 27 0.07 0.01 152 229 22 0.01 0.01 3 1.5 4.9 35 0.01
KL22-07 14.5 17.5 0.0026 26 0.07 0.01 222 141 16 7 0.01 0.01 0.8 1.8 41 0.01
KL22-07 17.5 20.5 0.0011 11 0.1 0.01 89 19 15 0.01 0.01 0.01 0.9 1.4 37 0.01
KL22-07 20.5 23.5 0.0013 13 0.04 0.01 111 60 16 0.01 0.01 0.01 0.6 2.4 23 0.01
KL22-07 23.5 26.2 0.0166 166 0.04 0.01 106 51 30 0.01 0.01 0.01 0.6 3.0 24 0.01
KL22-07 26.2 29.1 0.087 870 0.02 1.4 87 170 6 16 5 0.01 0.8 8.6 38 0.01
KL22-07 29.1 32 0.054 540 0.02 0.6 105 61 15 8 2 6 0.6 5.1 73 0.01
KL22-07 32 35.5 0.0371 371 0.08 0.01 55 100 25 16 0.01 5 1.3 2.6 130 0.01
KL22-07 35.5 38.2 0.0266 266 0.06 2.6 266 230 50 12 0.01 6 4.3 5.5 75 0.01
KL22-07 38.2 41.5 0.073 730 0.25 33.8 34000 13400 130 16 6 0.01 19.2 193.0 55 0.39
KL22-07 41.5 48 0.021 210 0.1 2.3 336 180 37 71 7 0.01 2.3 11.9 102 0.01
KL22-07 48 51 0.0145 145 0.03 0.01 81 39 7 21 0.01 0.01 0.9 0.5 33 0.01
KL22-07 51 54.5 0.0098 98 0.01 0.01 47 49 4 19 0.01 0.01 0.7 0.0 25 0.01
KL22-07 54.5 56.5 0.0125 125 0.01 0.01 48 56 2 11 0.01 0.01 0.2 0.0 26 0.01
KL22-07 56.5 59.3 0.012 120 0.01 0.01 74 98 3 8 0.01 0.01 0.2 1.0 26 0.01
KL22-07 62.3 65.5 0.0086 86 0.01 0.01 60 45 3 7 0.01 0.01 0.01 0.9 18 0.01
KL22-07 65.5 68.5 0.0115 115 0.02 0.6 620 248 7 14 1 0.01 0.6 2.3 6 0.01
KL22-07 68.5 78.5 0.0176 176 0.08 0.9 378 1180 22 38 1 0.01 1.4 7.2 19 0.01
KL22-07 78.5 84.5 0.0122 122 0.01 4.5 1690 3950 2 7 0.01 0.01 4.5 2.1 23 0.01
KL22-07 84.5 87 0.0095 95 0.01 3.3 417 2400 7 11 1 0.01 2.7 0.9 27 0.01
KL22-07 87 90.2 0.0101 101 0.01 3.6 770 2190 27 10 0.01 0.01 4 1.4 26 0.01
KL22-07 90.2 93.8 0.0061 61 0.01 2.7 550 1950 13 15 0.01 0.01 3.3 1.5 25 0.01
KL22-07 93.8 97.2 0.0057 57 0.01 3.8 296 1950 8 7 4 0.01 1.5 2.0 30 0.01
KL22-07 97.2 100.1 0.0043 43 0.01 2.7 77 1070 3 7 3 0.01 1.4 1.1 25 0.01
KL22-07 100.1 102.7 0.007 70 0.01 1.9 384 630 4 3 1 0.01 0.9 1.0 27 0.01
KL22-07 102.7 105.8 0.0061 61 0.01 1.2 104 224 3 4 0.01 0.01 0.8 0.8 28 0.01
KL22-07 105.8 109.2 0.0101 101 0.01 2.3 342 750 5 6 0.01 0.01 0.9 0.8 26 0.01
KL22-07 109.2 112.6 0.0087 87 0.01 2.3 313 740 2 4 1 0.01 1.1 1.5 16 0.01
KL22-07 112.6 115.1 0.006 60 0.01 3.9 215 600 6 10 0.01 0.01 1.3 1.4 16 0.01
KL22-07 115.1 118.9 0.0059 59 0.01 6.2 324 276 6 6 0.01 0.01 1.2 0.9 12 0.01
KL22-07 118.9 121.7 0.0084 84 0.01 2.1 264 382 5 13 0.01 0.01 1 0.8 11 0.01
KL22-07 121.7 125.1 0.0164 164 0.01 1.2 263 331 3 8 0.01 0.01 0.9 0.5 12 0.01
KL22-07 125.1 128.5 0.008 80 0.01 0.7 84 104 2 6 0.01 0.01 0.01 0.8 15 0.01
KL22-07 128.5 132.2 0.0184 184 0.01 1.4 86 116 4 5 0.01 0.01 0.4 1.2 11 0.01
KL22-07 132.2 134.5 0.009 90 0.01 1.2 99 196 2 4 0.01 0.01 0.01 1.0 15 0.01
KL22-07 134.5 137.1 0.0041 41 0.01 1.1 96 137 3 4 0.01 0.01 0.4 0.6 12 0.01
KL22-07 137.1 140.2 0.0059 59 0.01 0.9 168 233 2 3 0.01 0.01 0.3 0.5 9 0.01
KL22-07 140.2 143.2 0.0049 49 0.01 0.6 147 124 4 6 0.01 0.01 0.3 1.0 12 0.01
KL22-07 143.2 146.2 0.0056 56 0.01 3.5 296 274 12 5 0.01 0.01 1.5 0.0 15 0.01
KL22-07 146.2 149 0.0051 51 0.01 1.5 303 296 3 4 0.01 0.01 0.7 0.5 9 0.01
KL22-07 149 151.7 0.0073 73 0.01 1.4 610 361 3 3 0.01 0.01 0.8 0.7 15 0.01
KL22-07 151.7 153.8 0.0091 91 0.02 2.6 720 1530 5 6 0.01 0.01 2.3 1.7 16 0.01
KL22-07 153.8 156.3 0.0082 82 0.03 1.9 420 1170 6 7 0.01 0.01 1 2.0 16 0.01
KL22-07 156.3 159 0.0068 68 0.01 1.7 430 1210 3 6 0.01 0.01 1.1 1.2 17 0.01



Appendix V - 73 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL22-07 159 161.2 0.0093 93 0.02 4.1 1210 2010 20 32 0.01 0.01 3.5 1.5 11 0.01
KL22-07 161.2 163.7 0.0038 38 0.03 2.3 1120 780 9 11 0.01 0.01 2.3 2.0 14 0.01
KL22-07 163.7 166.5 0.0185 185 0.02 4.4 1580 2170 5 5 0.01 0.01 3.7 1.9 13 0.01
KL22-07 166.5 169.6 0.008 80 0.01 0.7 112 108 5 4 0.01 0.01 0.6 1.0 12 0.01
KL22-07 169.6 172.7 0.0025 25 0.13 19.7 3100 2600 12 6 0.01 0.01 2.8 10.2 14 0.01
KL22-07 172.7 174.6 0.0025 25 0.01 1.2 322 275 15 6 0.01 0.01 1.4 1.7 12 0.01
KL22-07 174.6 177.6 0.002 20 0.01 0.01 192 114 6 4 0.01 0.01 1 1.4 13 0.01
KL22-07 177.6 180.3 0.004 40 0.01 0.8 301 293 6 10 0.01 0.01 2.2 1.5 13 0.01
KL22-07 180.3 182.5 0.0103 103 0.02 0.6 460 750 23 23 0.01 2 0.8 2.9 15 0.01
KL22-07 182.5 185 0.0061 61 0.01 0.01 110 290 11 6 0.01 0.01 0.9 1.3 16 0.01
KL22-07 185 188 0.029 290 0.19 16.6 6510 9000 26 8 0.01 2 11.3 24.4 25 0.01
KL22-07 191.1 194.2 0.061 610 0.27 32.2 31000 37000 18 16 1 0.01 26.8 164.0 27 0.01
KL22-07 194.2 195.9 0.005 50 0.04 1 670 1570 5 4 0.01 0.01 0.3 2.5 17 0.01
KL22-07 195.9 198.5 0.0037 37 0.03 1.8 1140 2670 6 7 0.01 0.01 2.3 2.3 17 0.01
KL22-07 198.5 201 0.0058 58 0.04 2.1 890 2480 6 5 0.01 0.01 2.8 5.8 14 0.01
KL22-07 201 203.5 0.0306 306 0.04 0.9 460 1190 5 13 0.01 0.01 0.7 3.3 24 0.01
KL22-07 203.5 206.5 0.0127 127 0.05 1.3 690 840 14 9 6 0.01 1.3 6.3 26 0.01
KL22-07 206.5 208.5 0.0115 115 0.04 0.01 990 870 10 8 2 0.01 0.7 2.9 25 0.01
KL22-07 208.5 212.5 0.071 710 0.07 1.4 930 700 25 8 6 0.01 0.8 6.1 19 0.01
KL22-07 212.5 215.5 0.114 1140 0.5 11.2 3970 4140 120 9 56 4 1.8 118.0 32 0.01
KL22-07 215.5 218.5 0.45 4500 0.77 28.5 18200 7600 640 462 126 23 30.2 94.0 87 0.01
KL22-07 218.5 221.7 0.336 3360 0.17 3.9 820 332 800 69 5 6 60 11.5 185 0.01
KL22-07 221.7 224.5 0.0389 389 0.08 0.5 136 75 16 45 0.01 2 0.8 3.8 25 0.01
KL22-07 224.5 227.5 0.382 3820 0.52 3.6 346 263 420 500 4 14 58 26.5 118 0.01
KL22-07 227.5 229.5 0.534 5340 1.52 1.5 1190 112 45 46 3 24 3.9 8.2 21 0.01
KL22-07 229.5 232.5 0.97 9700 0.82 1.6 271 59 29 160 1 30 2.2 9.0 70 0.01
KL22-07 232.5 235.3 0.172 1720 0.31 0.01 215 37 30 1140 1 9 1.2 3.4 34 0.01
KL22-07 235.3 238.3 0.98 9800 1.07 2.8 198 66 66 1210 1 18 2.2 4.2 117 0.01
KL22-07 238.3 240.2 0.8 8000 0.7 1.8 255 77 38 950 0.01 15 1.5 10.3 158 0.01
KL22-07 240.2 241.5 1.08 10800 1.07 2.4 197 25 22 194 0.01 17 0.7 8.5 92 0.01
KL22-07 241.5 244.7 0.374 3740 0.51 2.1 570 169 43 780 2 9 4.4 5.7 51 0.11
KL22-07 244.7 249.5 0.51 5100 0.92 3.2 500 203 160 230 3 10 12 20.0 70 0.12
KL22-07 249.5 252.5 0.146 1460 0.42 0.8 146 29 18 850 0.01 6 1.6 7.5 74 0.01
KL22-07 252.5 257.5 0.082 820 1.68 0.6 242 58 48 540 1 5 1.6 8.9 80 0.01
KL22-07 257.5 260.5 0.066 660 0.67 0.01 105 32 44 1460 0.01 6 0.5 6.0 39 0.01
KL22-07 260.5 265 0.97 9700 0.85 2.4 5720 46 35 62 0.01 42 1.5 13.8 35 0.1
KL22-07 265 266.5 0.99 9900 1.52 9.4 10500 26 1450 302 5 11 36 18.8 58 0.58
KL22-07 266.5 269.5 4.74 47400 3.2 25.6 5700 25 830 115 4 17 24 28.8 58 0.13
KL22-07 269.5 271.7 1.47 14700 2.05 10.9 7200 10 8 33 1 11 0.01 17.3 30 0.01
KL22-07 271.7 273.7 0.84 8400 1 3.6 510 12 17 35 1 6 0.2 9.5 45 0.01
KL22-07 273.7 275 12.3 123000 10.9 6.8 4100 14 5 7 6 40 0.4 35.0 37 0.01
KL22-07 275 277.1 7.64 76400 6.67 2 810 7 2 6 2 64 0.01 36.2 40 0.01
KL22-07 277.1 280.8 2.55 25500 5.31 3.2 3400 15 2 93 36 19 0.3 65.0 66 0.01
KL22-07 280.8 283.7 0.6 6000 1.15 1.7 193 18 5 45 2 15 0.2 20.2 28 0.01
KL22-07 283.7 286.5 0.69 6900 0.56 0.8 2750 58 2 10 1 17 0.4 18.3 27 0.01
KL22-07 286.5 289.5 2.13 21300 2.61 2.1 128 10 2 79 0.01 38 0.01 9.5 32 0.01
KL22-07 289.5 292.5 2 20000 1.84 2.2 100 25 2 15 1 42 1 7.5 20 0.01
KL22-07 292.5 294.5 1.26 12600 1.08 1.4 62 15 4 3 0.01 26 0.3 8.0 30 0.01
KL22-07 294.5 296.5 1.73 17300 1.59 1.8 74 11 3 0.01 0.01 32 0.01 12.5 36 0.01
KL22-07 296.5 299.5 2.16 21600 1.53 2.8 332 100 68 3 1 40 1.1 18.0 56 0.11
KL22-07 299.5 302.5 3.59 35900 2.17 5.1 480 266 190 18 18 41 2 22.0 92 0.01
KL22-07 302.5 305.2 3.08 30800 2.75 10 910 247 480 13 8 28 15.3 21.0 103 0.01
KL22-07 305.2 308.1 5.41 54100 4.68 19.6 142 108 170 74 8 14 22 18.8 98 0.12
KL22-07 308.1 310.8 3.64 36400 0.86 17.9 274 182 400 245 34 11 35 11.0 24 0.21
KL22-07 310.8 312.4 1.03 10300 0.22 2.4 68 36 25 115 1 8 0.4 6.8 37 0.01
KL22-07 312.4 314 0.73 7300 0.16 1.9 50 17 8 163 0.01 5 0.5 5.7 61 0.1
KL22-07 314 317 0.421 4210 0.11 1.1 40 7 11 49 0.01 4 0.3 3.5 114 0.01
KL22-07 317 320 0.42 4200 0.14 0.9 34 7 4 83 0.01 3 0.01 4.4 47 0.01
KL22-07 320 323 0.487 4870 0.33 1.1 105 30 1 83 0.01 5 0.2 5.8 52 0.01
KL22-07 323 326 1.37 13700 0.51 2 68 22 2 139 0.01 7 0.01 5.5 49 0.01
KL22-07 326 329 0.479 4790 0.28 0.9 51 16 3 150 0.01 4 0.2 5.5 42 0.01
KL22-07 329 332.5 0.98 9800 0.33 1.6 870 128 36 406 0.01 7 1.6 7.0 45 0.15
KL22-07 332.5 335.5 0.63 6300 0.21 0.8 206 26 31 92 0.01 6 1.3 7.3 77 0.01



Appendix V - 74 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL22-07 335.5 338.5 0.58 5800 0.28 0.7 129 12 23 66 0.01 5 0.8 6.0 112 0.01
KL22-07 338.5 341.5 0.98 9800 0.44 1.5 389 63 9 97 0.01 6 0.6 5.8 118 0.01
KL22-07 341.5 344.5 0.68 6800 0.41 1.1 327 15 10 265 0.01 5 0.3 7.3 81 0.01
KL22-07 344.5 347.8 1.8 18000 1.08 2.5 228 51 17 489 0.01 13 0.01 6.0 126 0.01
KL22-07 347.8 351.1 4.8 48000 2.58 5.1 128 16 1 381 1 48 0.01 12.0 43 0.01
KL22-07 351.1 353.6 6.3 63000 4.83 8.6 880 17 2 13 1 66 0.01 10.0 35 0.01
KL22-07 353.6 357.8 6.24 62400 3.44 7.9 1150 106 3 63 1 71 0.01 7.5 38 0.01
KL22-07 357.8 360.3 1.61 16100 1.4 3.6 216 70 13 187 1 46 0.01 17.5 30 0.01
KL22-07 360.3 362.6 0.53 5300 1.63 5.1 880 23 54 13 14 38 0.3 16.8 71 0.15
KL22-07 362.6 365.3 0.825 8250 1.67 2.3 12400 53 52 10 9 90 0.2 22.4 59 0.1
KL22-07 365.3 368.6 1.5 15000 1.58 4.8 13100 25 77 9 16 46 0.6 44.2 78 0.01
KL22-07 368.6 371.4 0.0316 316 0.11 0.6 460 45 17 5 2 2 0.01 1.4 15 0.01
KL22-07 371.4 374.4 0.0074 74 0.1 0.01 187 43 15 2 0.01 2 0.01 1.0 16 0.01
KL22-07 374.4 377.1 0.0223 223 0.13 0.01 388 22 26 0.01 0.01 2 0.01 2.4 13 0.01
KL22-07 377.1 380.5 0.34 3400 0.79 4.1 12700 1910 330 10 12 91 5.7 12.8 39 0.14
KL22-07 380.5 383.5 0.43 4300 0.65 2.7 500 45 50 8 4 73 1.8 10.8 29 0.01
KL22-07 383.5 386.5 0.22 2200 0.95 6.2 6400 55 310 7 26 45 1 9.0 47 0.1
KL22-07 386.5 391.2 0.0263 263 0.1 0.01 93 19 53 0.01 5 3 0.01 0.0 13 0.01
KL22-07 391.2 394.3 0.0049 49 0.01 0.01 83 19 4 0.01 1 3 0.3 0.0 8 0.01
KL22-07 394.3 397.4 0.0084 84 0.01 0.01 176 18 12 0.01 2 2 0.2 0.0 7 0.01
KL22-07 397.4 400 0.0148 148 0.01 0.01 95 15 19 2 2 2 0.01 0.0 11 0.01
KL22-07 400 403.1 0.0097 97 0.01 0.01 123 18 9 0.01 1 2 0.01 0.0 9 0.01
KL22-07 403.1 407.5 0.0051 51 0.01 0.01 68 25 7 0.01 1 3 0.3 0.0 9 0.01
KL22-07 407.5 410.5 0.0162 162 0.01 0.01 38 15 3 6 0.01 2 0.01 0.6 10 0.01
KL22-07 410.5 413.5 0.0334 334 0.04 0.01 213 214 39 6 1 2 0.9 3.4 17 0.01
KL22-07 413.5 417.7 0.0408 408 0.06 1.3 1040 500 12 8 11 3 0.4 2.1 14 0.01
KL22-07 417.7 421 0.006 60 0.04 0.01 51 34 23 0.01 0.01 2 0.2 0.6 12 0.01
KL22-07 421 422.5 0.0098 98 0.01 0.01 138 34 14 0.01 0.01 3 0.4 0.0 8 0.01
KL22-07 422.5 425.5 0.0114 114 0.03 0.01 115 16 16 0.01 1 2 0.4 0.0 11 0.01
KL22-07 425.5 428.5 0.0073 73 0.01 0.01 129 25 22 0.01 0.01 0.01 0.4 0.0 13 0.01
KL22-07 428.5 431.5 0.0074 74 0.01 0.01 59 43 27 7 0.01 0.01 0.3 0.0 25 0.01
KL22-07 431.5 434.5 0.003 30 0.01 0.01 29 25 18 0.01 0.01 0.01 0.3 0.0 21 0.01
KL22-07 434.5 436.3 0.0043 43 0.01 0.01 41 18 13 0.01 0.01 0.01 0.3 0.0 16 0.01
KL22-08 0 3 0.0013 13 0.02 0.01 45 22 5 0.01 0.01 0.01 0.5 1.0 23 0.12
KL22-08 3 6 0.003 30 0.09 0.01 138 34 5 2 0.01 0.01 0.6 0.8 19 0.01
KL22-08 6 9 0.0056 56 0.17 0.01 84 33 5 0.01 0.01 0.01 0.8 1.0 22 0.01
KL22-08 9 12 0.0032 32 1 2 135 30 18 0.01 0.01 0.01 1.5 4.0 25 0.01
KL22-08 12 15 0.0043 43 0.19 0.01 81 38 15 0.01 0.01 0.01 1.1 2.0 32 0.01
KL22-08 15 18 0.006 60 0.1 0.01 71 45 14 0.01 0.01 3 0.7 1.8 38 0.01
KL22-08 18 21 0.0107 107 0.11 0.7 293 500 18 14 0.01 2 1.4 4.3 47 0.01
KL22-08 21 23.8 0.0036 36 0.1 0.01 158 146 15 0.01 0.01 0.01 0.8 2.0 44 0.01
KL22-08 23.8 26.8 0.0017 17 0.03 0.01 86 23 9 0.01 0.01 0.01 0.4 1.3 24 0.01
KL22-08 26.8 29.1 0.0073 73 0.08 0.01 64 27 14 0.01 0.01 0.01 0.7 1.8 23 0.01
KL22-08 29.1 31.5 0.0038 38 0.08 0.01 162 83 19 0.01 0.01 0.01 0.5 2.0 25 0.01
KL22-08 31.5 34.5 0.0227 227 0.09 0.01 105 36 36 0.01 4 0.01 0.5 3.0 38 0.01
KL22-08 34.5 36 0.0108 108 0.01 0.8 187 174 14 0.01 2 0.01 0.5 11.5 49 0.01
KL22-08 36 39 0.0137 137 0.01 0.01 128 112 10 2 0.01 0.01 0.6 3.3 75 0.01
KL22-08 39 41.9 0.006 60 0.02 0.01 46 43 16 0.01 0.01 3 0.5 2.5 60 0.01
KL22-08 41.9 45 0.0219 219 0.06 0.01 51 36 17 7 0.01 4 1.3 3.5 75 0.01
KL22-08 45 48 0.031 310 0.51 21.7 36400 12500 94 16 30 4 8 126.0 52 1.18
KL22-08 48 52.5 0.0089 89 0.15 13.8 4000 1830 32 17 36 0.01 4.3 44.3 36 0.15
KL22-08 52.5 56.5 0.0084 84 0.33 5 6900 1890 130 35 8 0.01 2.8 7.6 39 0.2
KL22-08 56.5 60 0.0185 185 0.48 7.1 15200 6900 270 46 8 0.01 4.9 8.6 40 0.34
KL22-08 60 65.5 0.0138 138 0.44 3.8 6000 3400 44 7 0.01 0.01 3.1 8.8 33 0.17
KL22-08 65.5 68.5 0.004 40 0.08 1.1 2510 1620 8 6 0.01 0.01 1.5 4.8 17 0.01
KL22-08 68.5 70.8 0.006 60 0.02 0.9 2460 1560 9 4 0.01 0.01 1 4.5 21 0.01
KL22-08 70.8 73.3 0.0047 47 0.01 0.8 1510 940 5 8 0.01 0.01 0.6 3.5 15 0.01
KL22-08 73.3 75.3 0.0057 57 0.01 0.7 1000 680 8 35 0.01 0.01 0.8 3.3 24 0.1
KL22-08 75.3 78.6 0.0069 69 0.01 0.9 1480 1280 17 27 0.01 0.01 1.8 6.0 26 0.01
KL22-08 78.6 80.1 0.0065 65 0.01 1 590 416 14 41 0.01 0.01 1.4 3.0 19 0.01
KL22-08 80.1 83 0.0028 28 0.01 1.5 88 72 4 33 0.01 0.01 0.8 0.8 10 0.01
KL22-08 83 85.8 0.0032 32 0.01 0.9 930 810 9 80 1 0.01 2.8 3.5 9 0.01
KL22-08 85.8 88.6 0.0025 25 0.01 0.9 700 1450 5 135 2 0.01 2 4.7 12 0.01



Appendix V - 75 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL22-08 88.6 93 0.0024 24 0.12 0.8 275 194 46 7 0.01 0.01 0.8 1.0 13 0.01
KL22-08 93 95.3 0.0012 12 0.01 1.3 480 450 6 8 0.01 0.01 0.9 0.6 25 0.01
KL22-08 95.3 98.2 0.004 40 0.03 3.3 2400 1850 9 5 0.01 0.01 1.4 1.0 22 0.01
KL22-08 98.2 101.7 0.0009 9 0.01 0.8 164 198 7 0.01 0.01 0.01 0.4 1.3 23 0.01
KL22-08 101.7 105 0.0015 15 0.01 1.5 570 420 6 0.01 2 0.01 0.2 2.0 25 0.1
KL22-08 105 110.3 0.0016 16 0.01 0.01 135 91 27 2 0.01 0.01 0.3 0.8 23 0.01
KL22-08 110.3 113.3 0.002 20 0.01 1.3 256 490 2 0.01 2 0.01 0.2 1.5 27 0.01
KL22-08 113.3 116.8 0.0009 9 0.01 1.3 90 240 1 3 0.01 0.01 0.4 1.2 27 0.01
KL22-08 116.8 119.2 0.0006 6 0.01 1 41 110 2 0.01 0.01 0.01 0.01 0.5 24 0.01
KL22-08 119.2 122.8 0.0012 12 0.01 2.9 147 242 3 3 0.01 0.01 0.4 1.0 27 0.01
KL22-08 122.8 125.9 0.0017 17 0.01 5.4 308 1440 2 0.01 0.01 0.01 1.2 1.5 25 0.01
KL22-08 125.9 127.5 0.0067 67 0.04 23.6 2000 2560 35 7 0.01 4 5.1 4.8 28 0.01
KL22-08 127.5 131 0.0045 45 0.01 3.1 590 430 36 7 0.01 0.01 1 2.0 25 0.01
KL22-08 131 133.6 0.0017 17 0.01 1.8 63 358 2 4 1 0.01 0.4 0.5 22 0.01
KL22-08 133.6 136 0.0016 16 0.01 1.3 141 530 3 0.01 0.01 0.01 0.5 0.8 22 0.01
KL22-08 136 138.5 0.0028 28 0.01 6.1 700 2040 6 3 0.01 0.01 4 1.4 19 0.01
KL22-08 138.5 142.3 0.0022 22 0.01 2.1 253 189 4 10 0.01 0.01 0.7 0.8 16 0.01
KL22-08 142.3 146 0.0007 7 0.01 2 75 58 6 23 0.01 0.01 0.4 0.5 14 0.01
KL22-08 146 148.4 0.0005 5 0.01 1.9 158 240 3 6 0.01 0.01 0.5 0.5 9 0.1
KL22-08 148.4 151.5 0.001 10 0.01 1 64 109 1 4 0.01 0.01 0.01 0.5 10 0.01
KL22-08 151.5 154.6 0.0006 6 0.01 1.1 101 113 3 2 0.01 0.01 0.3 0.5 11 0.01
KL22-08 154.6 156 0.0012 12 0.01 1.5 81 146 2 0.01 0.01 0.01 0.3 0.0 12 0.01
KL22-08 156 159 0.0017 17 0.01 0.01 54 38 3 5 0.01 0.01 0.2 0.5 10 0.01
KL22-08 159 162 0.0011 11 0.01 0.01 71 100 2 2 0.01 0.01 0.2 1.0 15 0.01
KL22-08 162 165 0.0007 7 0.01 0.01 73 128 3 4 0.01 0.01 0.2 1.4 14 0.01
KL22-08 165 167.6 0.0011 11 0.01 0.8 70 219 3 2 0.01 0.01 0.01 1.0 10 0.01
KL22-08 167.6 171 0.0071 71 0.01 0.8 235 269 7 5 0.01 0.01 0.7 0.8 14 0.01
KL22-08 171 174 0.0012 12 0.02 1.1 112 109 9 8 0.01 0.01 1 1.5 20 0.01
KL22-08 174 177 0.0012 12 0.01 1.7 141 159 4 6 0.01 0.01 0.6 1.3 17 0.01
KL22-08 177 180 0.0011 11 0.01 1.7 140 200 4 0.01 0.01 0.01 0.3 1.3 12 0.01
KL22-08 180 183 0.0026 26 0.01 2.3 183 260 3 2 0.01 0.01 0.4 1.8 18 0.01
KL22-08 183 186.5 0.0027 27 0.02 4.2 311 345 3 2 0.01 0.01 1 1.3 20 0.01
KL22-08 186.5 189.5 0.0013 13 0.01 0.9 78 215 3 3 0.01 0.01 0.7 1.3 17 0.01
KL22-08 189.5 193.2 0.0012 12 0.01 2.3 1440 680 3 4 0.01 0.01 1.2 1.0 19 0.01
KL22-08 193.2 196.2 0.001 10 0.01 1.3 111 209 2 0.01 0.01 0.01 0.5 0.8 18 0.01
KL22-08 196.2 199.3 0.0024 24 0.01 1.5 195 270 6 15 0.01 0.01 0.6 1.5 13 0.01
KL22-08 199.3 202.8 0.0037 37 0.01 1.6 343 670 4 8 0.01 0.01 0.9 1.3 15 0.01
KL22-08 202.8 204.6 0.0024 24 0.01 0.01 178 173 5 6 3 0.01 0.3 1.7 17 0.01
KL22-08 204.6 207 0.0012 12 0.01 0.01 53 90 6 5 0.01 0.01 0.3 1.0 21 0.01
KL22-08 207 210 0.0015 15 0.01 0.5 168 184 4 5 0.01 0.01 0.5 1.8 14 0.01
KL22-08 210 213 0.0016 16 0.01 0.7 118 179 6 3 0.01 0.01 1.3 1.0 18 0.01
KL22-08 213 216 0.0059 59 0.02 7 2800 2900 6 3 0.01 0.01 5.2 7.5 13 0.01
KL22-08 216 219 0.0054 54 0.01 0.01 163 270 16 21 0.01 0.01 0.5 1.5 19 0.01
KL22-08 219 222 0.0015 15 0.01 0.01 117 220 6 4 0.01 3 0.7 1.3 21 0.01
KL22-08 222 225 0.0029 29 0.01 1.1 218 980 10 6 0.01 2 0.6 7.5 21 0.01
KL22-08 225 227.7 0.0064 64 0.03 7.3 4400 4400 10 5 0.01 2 6.2 12.3 17 0.01
KL22-08 227.7 230.7 0.0123 123 0.12 23.7 3500 18000 12 15 46 0.01 4.3 49.4 21 0.01
KL22-08 230.7 233.7 0.0038 38 0.05 4.3 700 2100 19 12 12 0.01 0.7 2.6 14 0.01
KL22-08 233.7 236 0.0245 245 0.07 2.2 1300 1940 44 29 6 0.01 3.2 3.3 20 0.11
KL22-08 236 239.1 0.0102 102 0.03 2.1 1500 1520 29 8 3 0.01 2.5 4.3 21 0.01
KL22-08 239.1 243 0.0046 46 0.02 0.01 366 376 8 14 1 0.01 0.2 2.2 18 0.01
KL22-08 243 246 0.0095 95 0.07 4.4 2600 3680 21 10 1 3 5.9 9.8 27 0.01
KL22-08 246 249 0.0175 175 0.05 1.3 990 540 16 8 6 0.01 0.8 4.5 22 0.01
KL22-08 249 254.1 0.121 1210 0.3 8.5 12900 1130 31 6 163 9 1.5 65.0 24 0.01
KL22-08 254.1 256.3 0.41 4100 1.04 9.5 18400 450 45 10 72 21 2.1 48.8 30 0.01
KL22-08 256.3 257.8 0.463 4630 0.59 1.6 197 34 30 158 15 10 2.4 8.0 56 0.01
KL22-08 257.8 259 0.091 910 0.05 1.6 4100 73 33 23 3 2 21 5.4 321 0.23
KL22-08 259 261 0.214 2140 0.09 0.6 62 43 47 163 2 4 8.7 10.4 276 0.01
KL22-08 261 264 0.214 2140 0.37 2 1400 127 53 496 20 12 8.5 45.5 201 0.1
KL22-08 264 267 0.087 870 0.19 1.1 124 56 13 810 5 6 1.6 7.0 62 0.01
KL22-08 267 270 0.429 4290 0.49 1.9 1420 62 46 230 12 12 2 10.8 72 0.01
KL22-08 270 273 0.28 2800 0.51 1.6 10300 71 32 202 410 18 1.9 37.5 79 0.01
KL22-08 273 275.55 0.78 7800 0.67 16.5 9300 1800 290 356 55 17 125 54.2 201 0.7



Appendix V - 76 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL22-08 275.55 278.6 0.494 4940 0.36 0.7 110 40 29 990 6 6 3.3 12.4 106 0.01
KL22-08 278.6 280.4 0.154 1540 0.15 0.6 49 20 25 1050 2 5 1.7 6.5 188 0.01
KL22-08 280.4 281.7 0.75 7500 0.75 1.7 178 15 16 52 1 19 1.1 10.0 71 0.01
KL22-08 281.7 284.7 0.493 4930 0.73 1.6 244 37 19 109 2 18 3 12.8 69 0.1
KL22-08 284.7 287.7 0.237 2370 0.97 0.9 213 55 40 102 2 16 2.8 4.8 72 0.13
KL22-08 287.7 292.8 0.18 1800 0.89 1.7 90 53 45 2160 13 9 2.3 6.8 97 0.11
KL22-08 292.8 295.8 0.64 6400 1.8 2.8 346 188 160 1370 22 14 15.4 10.8 100 0.12
KL22-08 295.8 298.9 1.66 16600 1.21 3.5 500 65 14 41 8 26 1 28.8 42 0.1
KL22-08 298.9 302 1 10000 1.05 2 1120 70 12 16 1 27 2 27.8 33 0.12
KL22-08 302 306 0.53 5300 1.59 7.3 8100 2400 42 9 8 56 11.2 23.8 29 0.01
KL22-08 306 310 0.067 670 0.69 6.3 19400 253 27 3 7 62 3.8 21.0 13 0.12
KL22-08 310 315 0.39 3900 0.65 6.2 21000 920 220 38 24 21 8.7 14.5 18 0.15
KL22-08 315 319.2 1.32 13200 1.59 17.3 34100 352 590 14 35 62 22 31.5 28 1.1
KL22-08 319.2 323.2 0.97 9700 1.16 24 31700 5200 510 60 88 13 26 90.0 68 0.93
KL22-08 323.2 326.2 0.47 4700 0.75 4.4 50100 95 49 10 11 58 7.8 51.2 35 0.12
KL22-08 326.2 329.2 0.76 7600 0.74 4.4 16000 53 49 21 3 39 5.3 30.0 41 0.1
KL22-08 329.2 332 0.44 4400 0.51 5 37000 43 36 6 2 36 3.3 37.1 28 0.1
KL22-08 332 333.9 0.95 9500 0.71 1.5 980 81 3 467 2 52 2.4 9.0 27 0.01
KL22-08 333.9 335.7 0.474 4740 0.4 1.1 361 38 7 1470 1 55 6.9 13.3 64 0.12
KL22-08 335.7 338.7 1.63 16300 0.83 5.3 299 61 76 870 1 48 12.8 30.3 142 0.7
KL22-08 338.7 342.3 1.03 10300 0.77 2.2 335 12 10 300 2 51 1.3 39.5 110 0.01
KL22-08 342.3 345.15 0.92 9200 0.76 3.2 8200 36 34 15 29 23 2.6 134.0 123 0.15
KL22-08 345.15 349.1 0.45 4500 1.2 4.5 21600 820 208 3 80 9 10.3 60.0 83 0.47
KL22-08 349.1 351.8 0.32 3200 0.58 3.8 28100 103 80 12 40 13 2.4 56.3 64 0.13
KL22-08 351.8 354 0.82 8200 0.66 4.2 16400 115 59 7 54 13 1.9 128.0 95 0.01
KL22-08 354 356 0.37 3700 0.54 7.4 45500 1350 250 115 30 13 6.3 52.2 24 0.18
KL22-08 356 358.5 0.3 3000 1.04 16.2 12800 3000 530 51 52 11 26 20.2 59 0.23
KL22-08 358.5 360.1 0.187 1870 0.49 5.6 5000 390 330 10 19 11 9.4 5.3 24 0.01
KL24-01 229.9 232
KL24-01 232 235
KL24-01 235 238
KL24-01 238 240.6
KL24-01 240.6 243
KL24-01 243 245.4
KL24-01 245.4 248.4
KL24-01 248.4 251.4
KL24-01 251.4 254.8
KL24-01 254.8 257.8
KL24-01 257.8 260.8
KL24-01 260.8 263.8
KL24-01 263.8 266.8
KL24-01 266.8 268.7
KL24-01 268.7 270.9
KL24-01 270.9 272.8
KL24-01 272.8 275.8
KL24-01 275.8 278.8
KL24-01 278.8 281.8
KL24-01 281.8 284.8
KL24-01 284.8 287.8
KL24-01 287.8 290.8
KL24-01 290.8 293.8
KL24-01 293.8 296.8
KL24-01 296.8 299.8
KL24-01 299.8 302.8
KL24-01 302.8 305.8
KL24-01 305.8 308.8
KL24-01 308.8 311
KL24-01 311 311.5
KL24-01 311.5 312
KL24-01 312 315.6
KL24-01 315.6 318.6
KL24-01 318.6 321.5
KL24-01 321.5 323.8



Appendix V - 77 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-01 323.8 326.8
KL24-01 326.8 329.8
KL24-01 329.8 332.8
KL24-01 332.8 335.8
KL24-01 335.8 338.8
KL24-01 338.8 341.8
KL24-01 341.8 344.8
KL24-01 344.8 347.8
KL24-01 347.8 350.8
KL24-01 350.8 353.8
KL24-01 353.8 356.8
KL24-01 356.8 359.8
KL24-01 359.8 362.8
KL24-01 362.8 365.8
KL24-01 365.8 368.8
KL24-01 368.8 371.8
KL24-01 371.8 374.8
KL24-01 374.8 377.8
KL24-01 377.8 380.8
KL24-01 380.8 383.8
KL24-01 383.8 386.8
KL24-01 386.8 389.8
KL24-01 389.8 392.8
KL24-01 392.8 395.8
KL24-01 395.8 398.8
KL24-01 398.8 401.8
KL24-01 401.8 403.8
KL24-01 403.8 405
KL24-01 405 407.8
KL24-01 407.8 410.4
KL24-01 410.4 412.8
KL24-01 412.8 414.8
KL24-01 414.8 416.8
KL24-01 416.8 419.8
KL24-01 419.8 422.8
KL24-01 422.8 425.8
KL24-01 425.8 428.8
KL24-01 428.8 431.8
KL24-01 431.8 434.8
KL24-01 434.8 437.8
KL24-01 437.8 440.8
KL24-01 440.8 443.8
KL24-01 443.8 446.8
KL24-01 446.8 449.8
KL24-01 449.8 452.8
KL24-01 452.8 455.8
KL24-01 455.8 458.8
KL24-01 458.8 461.8
KL24-01 461.8 464.5
KL24-01 464.5 467.1
KL24-01 467.1 470.8
KL24-01 470.8 473.8
KL24-01 473.8 476.8
KL24-01 476.8 479.8
KL24-01 479.8 482.8
KL24-01 482.8 485.1
KL24-01 485.1 485.8
KL24-01 485.8 488.8
KL24-01 488.8 491.8
KL24-01 491.8 494.8
KL24-01 494.8 497.8
KL24-01 497.8 500.8
KL24-01 500.8 503.8



Appendix V - 78 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-01 503.8 506.8
KL24-02 1.5 13.5
KL24-02 13.5 16.7
KL24-02 16.7 19.25
KL24-02 19.25 22.7
KL24-02 22.7 25.45
KL24-02 25.45 28.9
KL24-02 28.9 31.15
KL24-02 31.15 34.6
KL24-02 34.6 37.45
KL24-02 37.45 40.2
KL24-02 40.2 43
KL24-02 43 46.6
KL24-02 46.6 49.4
KL24-02 49.4 52.55
KL24-02 52.55 55.65
KL24-02 55.65 58.5
KL24-02 58.5 61.6
KL24-02 61.6 64.8
KL24-02 64.8 67.7
KL24-02 70.2 73.25
KL24-02 73.25 76.8
KL24-02 97.2 100.2
KL24-02 100.2 103
KL24-02 190.75 193.2
KL24-02 193.2 196.5
KL24-02 196.5 199.6
KL24-02 199.6 202.35
KL24-02 202.35 203.7
KL24-02 203.7 206.7
KL24-02 206.7 209.7
KL24-02 209.7 212.7
KL24-02 212.7 215.3
KL24-02 215.3 218.7
KL24-02 218.7 221.7
KL24-02 221.7 224.7
KL24-02 224.7 227
KL24-02 227 230.7
KL24-02 230.7 233.7
KL24-02 233.7 238.75
KL24-02 238.75 243
KL24-02 243 246.7
KL24-02 246.7 249.7
KL24-02 249.7 251.7
KL24-02 251.7 253.7
KL24-02 253.7 256.2
KL24-02 256.2 258.7
KL24-02 258.7 260.7
KL24-02 260.7 262.3
KL24-02 262.3 265
KL24-02 265 266.7
KL24-02 266.7 269.7
KL24-02 269.7 271.5
KL24-02 271.5 274
KL24-02 274 276.4
KL24-02 276.4 278.9
KL24-02 278.9 281.9
KL24-02 281.9 284.9
KL24-02 284.9 287.7 0.373 3730 0.21 0.5 112 5 7 83 0.01 18 5.4 7.7 50 0.01
KL24-02 287.7 290.7 2.16 21600 0.69 1.6 133 12 1 236 0.01 42 0.3 11.3 57 0.01
KL24-02 290.7 293.7 1.7 17000 1.25 1.9 96 14 1 104 2 38 0.5 7.7 70 0.01
KL24-02 293.7 296.7 3.67 36700 2.1 4.5 361 204 280 194 2 27 0.4 7.2 103 1.36
KL24-02 296.7 299.3 0.98 9800 0.62 2 56 17 2 198 0.01 11 0.2 6.2 56 0.01



Appendix V - 79 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-02 299.3 302.7 3.25 32500 3.17 6.4 72 17 1 234 1 18 0.3 9.5 95 0.01
KL24-02 302.7 305.7 2.42 24200 1.92 5.2 79 21 3 96 2 14 0.2 8.2 100 0.01
KL24-02 305.7 308.7 1.78 17800 1.22 2.7 179 74 43 220 2 12 0.8 7.5 110 0.01
KL24-02 308.7 311.7 1.36 13600 1.39 2.2 63 14 2 195 1 12 0.2 6.5 103 0.01
KL24-02 311.7 314.7 1.02 10200 0.83 1.5 57 10 8 48 1 13 0.6 6.1 96 0.01
KL24-02 314.7 317.7 0.75 7500 0.55 1.1 44 6 1 35 1 14 0.4 5.6 91 0.01
KL24-02 317.7 320.7 1.01 10100 0.73 1.6 42 7 0.01 91 1 14 0.01 7.7 66 0.01
KL24-02 320.7 323.7 1.26 12600 1.13 1.8 48 7 0.01 58 1 19 0.01 9.7 67 0.01
KL24-02 323.7 326.7 0.72 7200 0.51 1.7 36 9 1 46 0.01 14 0.01 5.2 70 0.01
KL24-02 326.7 329.7 0.84 8400 0.43 1.4 55 6 2 249 0.01 15 0.4 5.5 95 0.01
KL24-02 329.7 332.7 1.07 10700 0.86 1.8 44 9 0.01 162 1 15 0.3 7.0 80 0.01
KL24-02 332.7 335.7 1.23 12300 0.81 2.1 72 10 1 221 1 16 0.01 6.2 55 0.01
KL24-02 335.7 338.7 2.14 21400 1.24 2.8 82 9 0.01 800 1 20 0.4 5.5 70 0.01
KL24-02 338.7 341.7 1.07 10700 0.82 1.5 63 13 19 224 2 13 0.3 7.1 54 0.01
KL24-02 341.7 344.7 1.15 11500 0.75 2 450 40 100 124 15 23 0.4 9.0 50 0.01
KL24-02 344.7 347.7 0.85 8500 0.52 1.4 73 8 4 50 1 15 0.01 7.5 67 0.01
KL24-02 347.7 350.7 0.78 7800 0.55 1.7 76 36 29 94 1 12 0.01 5.0 45 0.01
KL24-02 350.7 353.7 0.58 5800 0.54 1.1 85 18 7 108 1 14 0.3 4.7 61 0.01
KL24-02 353.7 356.7 1.04 10400 1.04 1.5 47 9 0.01 74 2 15 0.3 8.5 85 0.01
KL24-02 356.7 359.7 0.86 8600 0.71 1.1 48 10 1 62 1 14 0.4 6.0 83 0.01
KL24-02 359.7 362.7 0.77 7700 0.64 1.1 41 9 0.01 23 1 13 0.2 3.5 71 0.01
KL24-02 362.7 365.7 0.63 6300 0.62 0.9 34 8 0.01 17 0.01 14 0.01 5.5 73 0.01
KL24-02 365.7 368.7 0.55 5500 0.57 0.9 31 8 1 21 1 16 0.3 4.5 82 0.01
KL24-02 368.7 371.7 0.72 7200 0.47 1.1 58 10 0.01 165 0.01 16 0.4 5.7 73 0.01
KL24-02 371.7 374.7 0.55 5500 0.38 1 46 8 1 24 0.01 13 0.01 4.7 58 0.01
KL24-02 374.7 377.7 0.422 4220 0.35 0.7 37 10 0.01 10 0.01 14 0.3 5.0 70 0.01
KL24-02 377.7 380.7 0.52 5200 0.34 0.9 43 15 1 17 0.01 16 0.9 6.2 94 0.01
KL24-02 380.7 383.7 0.66 6600 0.56 1.1 40 9 1 27 0.01 15 0.3 5.2 86 0.01
KL24-02 383.7 386.7 0.439 4390 0.36 1 41 11 2 33 0.01 18 0.2 6.7 107 0.01
KL24-02 386.7 389.7 0.52 5200 0.58 1 32 5 0.01 49 0.01 15 0.01 5.0 93 0.01
KL24-02 389.7 391.9 0.68 6800 0.38 1.1 41 6 1 28 0.01 18 0.01 3.7 104 0.01
KL24-02 391.9 393.9 1.62 16200 0.87 2 146 40 27 19 0.01 25 0.2 5.2 81 0.01
KL24-02 393.9 395.6 0.99 9900 0.48 0.9 121 15 0.01 10 1 27 0.01 5.8 60 0.01
KL24-02 395.6 397.6 2 20000 1.03 2.5 96 9 0.01 3 0.01 17 0.01 3.2 60 0.01
KL24-02 397.6 399.25 0.86 8600 0.4 1.3 95 14 1 18 0.01 27 0.3 5.0 57 0.01
KL24-02 399.25 401.25 1.17 11700 0.69 2 98 10 1 17 0.01 26 0.01 4.5 47 0.01
KL24-02 401.25 403.6 2.74 27400 1.24 4.7 124 12 0.01 21 0.01 24 0.01 1.3 37 0.01
KL24-02 403.6 405.7 2.27 22700 2.99 4.4 62 12 0.01 21 3 23 0.01 9.7 72 0.01
KL24-02 405.7 407.7 0.67 6700 0.42 1.5 201 28 16 74 0.01 7 0.01 6.0 52 0.01
KL24-02 407.7 410.7 0.84 8400 0.65 1.7 50 7 2 47 0.01 8 0.01 6.0 116 0.01
KL24-02 410.7 413.7 0.76 7600 0.67 1.7 67 9 2 19 0.01 6 0.01 5.2 69 0.01
KL24-02 413.7 416.7 0.88 8800 0.89 1.7 39 8 2 83 2 9 0.01 6.6 102 0.01
KL24-02 416.7 419.7 0.86 8600 0.49 1.9 29 5 2 25 1 13 0.01 5.7 106 0.01
KL24-02 419.7 422.7 0.65 6500 0.73 1.7 24 5 0.01 14 2 9 0.01 5.2 103 0.01
KL24-02 422.7 425.7 1.02 10200 0.83 2 35 6 1 25 2 6 0.01 5.5 109 0.01
KL24-02 425.7 428.7 1.1 11000 1.15 2 29 10 1 16 2 8 0.01 4.1 229 0.01
KL24-02 428.7 431.7 1.01 10100 0.63 2.1 39 7 0.01 12 0.01 4 0.01 5.2 210 0.01
KL24-02 431.7 434.7 1.17 11700 0.65 2.5 53 12 1 11 1 7 0.01 4.9 214 0.01
KL24-02 434.7 437.7 1.11 11100 0.83 2.4 40 9 2 39 1 13 0.01 7.3 79 0.01
KL24-02 437.7 440.7 0.71 7100 0.52 1.7 16 9 5 26 1 9 0.01 5.5 50 0.01
KL24-02 440.7 443.7 0.71 7100 0.4 1.7 86 42 2 17 0.01 9 0.4 5.2 65 0.01
KL24-02 443.7 460
KL24-03 2.05 7.5
KL24-03 7.5 16.5
KL24-03 16.5 19.3
KL24-03 19.3 22.5
KL24-03 22.5 25.5
KL24-03 25.5 28.6
KL24-03 28.6 31.25
KL24-03 31.25 34.55
KL24-03 34.55 37.3
KL24-03 37.3 40.25
KL24-03 40.25 43.65



Appendix V - 80 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-03 43.65 47
KL24-03 47 49.5
KL24-03 49.5 52.4
KL24-03 52.4 55.65
KL24-03 55.65 58.5
KL24-03 58.5 61.5
KL24-03 61.5 64.15
KL24-03 64.15 67.15
KL24-03 67.15 71.65
KL24-03 127.9 130.25
KL24-03 153.7 155
KL24-03 163.9 165.1
KL24-03 167.9 181.4
KL24-03 181.4 184.5
KL24-03 184.5 187.1
KL24-03 187.1 190.3
KL24-03 190.3 195
KL24-03 195 198
KL24-03 198 201.25
KL24-03 201.25 204
KL24-03 204 207
KL24-03 207 210
KL24-03 210 213 0.22 2200 0.77 1.8 1340 77 88 540 14 4 2.1 12.7 60 0.19
KL24-03 213 216 1.03 10300 1.59 4.3 315 31 9 211 83 8 0.5 13.0 78 0.1
KL24-03 216 218.85 0.262 2620 0.81 1.8 760 24 9 283 56 7 0.4 9.5 43 0.01
KL24-03 218.85 222 0.234 2340 0.75 1.8 2060 15 31 48 53 6 0.2 16.0 36 0.01
KL24-03 222 224.15 0.235 2350 1.32 1.8 500 44 29 16 36 2 1.2 21.5 23 0.01
KL24-03 224.15 228.7 0.391 3910 0.44 1.5 151 87 11 340 117 13 0.7 37.3 104 0.01
KL24-03 228.7 231.7 0.243 2430 1.23 2 256 34 10 137 93 6 0.5 34.5 21 0.01
KL24-03 231.7 234 0.122 1220 0.64 1 43 20 15 67 12 7 1.3 20.4 15 0.01
KL24-03 234 237 0.282 2820 0.84 0.8 43 18 13 49 16 10 0.01 38.1 16 0.01
KL24-03 237 240 0.239 2390 0.86 0.6 41 11 40 18 53 17 0.3 40.0 19 0.01
KL24-03 240 243 0.361 3610 1 0.8 41 10 5 52 6 12 0.01 36.5 11 0.01
KL24-03 243 247.05 0.276 2760 1.58 0.8 57 12 4 65 12 10 0.01 40.0 15 0.01
KL24-03 247.05 250.5 0.335 3350 0.73 0.8 72 16 3 68 2 11 0.01 18.5 23 0.01
KL24-03 250.5 253.5 0.376 3760 0.56 1.2 61 19 2 19 3 15 0.01 32.0 32 0.01
KL24-03 253.5 257.4 0.477 4770 0.61 1.3 140 22 4 73 0.01 91 0.4 23.0 24 0.01
KL24-03 257.4 260.4 0.71 7100 0.62 1.4 113 86 1 12 0.01 49 0.01 10.3 48 0.01
KL24-03 260.4 263.4 1.84 18400 1.18 3.2 141 33 1 92 0.01 50 0.01 16.0 70 0.01
KL24-03 263.4 265.9 3.68 36800 2.56 5.5 230 90 3 23 1 35 0.01 22.5 96 0.01
KL24-03 265.9 268.1 3.04 30400 3.96 4.1 127 36 1 21 1 18 0.01 25.0 89 0.01
KL24-03 268.1 271.5 2.13 21300 3.34 3 72 13 1 309 0.01 14 0.01 17.5 74 0.01
KL24-03 271.5 275.7 0.86 8600 0.52 1.6 73 23 0.01 300 0.01 9 0.01 8.0 68 0.1
KL24-03 275.7 278.7 1.2 12000 0.58 2.6 144 110 360 210 0.01 7 0.9 10.0 86 0.17
KL24-03 278.7 282 1.85 18500 1.5 3.2 78 48 0.01 96 0.01 9 0.3 10.0 73 0.01
KL24-03 282 285.8 1.79 17900 1.28 2.5 80 97 80 106 0.01 12 0.2 8.0 91 0.16
KL24-03 285.8 288 1.89 18900 1.2 2.8 103 32 4 138 0.01 16 0.6 11.5 75 0.1
KL24-03 288 291 1.7 17000 1.07 2.7 81 24 2 164 0.01 11 0.01 10.0 89 0.01
KL24-03 291 294 1.82 18200 1.26 4.2 51 63 6 167 0.01 12 0.01 11.0 82 0.41
KL24-03 294 297 1.92 19200 0.81 7.2 440 157 33 144 2 11 0.9 10.0 79 0.49
KL24-03 297 300 1.89 18900 1.75 4.3 198 290 610 115 2 13 2.6 11.0 79 0.18
KL24-03 300 303 1.72 17200 1.21 3.2 78 19 23 230 3 8 0.01 7.3 89 0.01
KL24-03 303 306 0.95 9500 0.64 1.8 42 16 3 115 1 8 0.01 8.5 76 0.01
KL24-03 306 309 1.58 15800 1.08 2.7 79 25 11 114 2 9 0.01 9.0 76 0.01
KL24-03 309 312 1.47 14700 1.24 2.5 63 20 0.01 25 3 8 0.01 7.5 90 0.01
KL24-03 312 315 0.58 5800 0.54 1 53 12 1 63 0.01 7 0.01 5.3 90 0.01
KL24-03 315 318 0.96 9600 0.82 1.4 60 16 1 109 0.01 8 0.01 6.8 93 0.01
KL24-03 318 321 1.1 11000 0.95 1.8 74 43 1 180 0.01 9 0.01 6.5 86 0.01
KL24-03 321 324 0.92 9200 0.63 4.6 1770 1270 29 173 0.01 9 22 11.0 103 0.01
KL24-03 324 327 0.98 9800 1.06 2.2 61 34 3 153 1 12 0.01 7.0 95 0.1
KL24-03 327 330 1.23 12300 1.03 3.2 207 77 89 360 1 14 1.2 10.0 82 0.18
KL24-03 330 333 1.24 12400 1.11 2.7 89 92 34 236 2 10 1.3 8.5 83 0.24
KL24-03 333 336 1.33 13300 1.29 2.8 480 125 4 346 1 11 0.01 6.4 65 0.01



Appendix V - 81 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-03 336 339 1.01 10100 0.88 1.8 45 15 1 282 1 14 0.01 7.0 73 0.01
KL24-03 339 342 0.92 9200 0.75 1.5 34 11 2 102 1 9 0.01 6.8 77 0.01
KL24-03 342 345 1.01 10100 0.94 2 102 28 1 65 0.01 10 0.3 7.8 71 0.01
KL24-03 345 348 1.36 13600 1.32 2.4 33 12 0.01 127 3 10 0.01 6.3 63 0.01
KL24-03 348 351 1.11 11100 1.04 1.7 40 10 1 120 2 10 0.01 6.5 83 0.01
KL24-03 351 354 1.14 11400 0.88 2.2 49 15 2 178 1 10 0.01 7.3 72 0.01
KL24-03 354 357 1.18 11800 0.99 1.9 53 15 5 60 1 9 0.01 8.1 72 0.01
KL24-03 357 360 1 10000 0.53 1.5 29 7 0.01 145 1 10 0.01 6.0 71 0.01
KL24-03 360 363 1.28 12800 0.96 2.1 61 8 0.01 34 1 13 0.01 6.3 46 0.01
KL24-03 363 366 1.44 14400 0.63 1.6 27 5 1 55 2 16 0.01 7.5 67 0.01
KL24-03 366 369 1.36 13600 0.81 2.4 29 5 0.01 55 1 20 1 9.5 58 0.01
KL24-03 369 372 1.28 12800 0.38 1.7 28 7 1 43 1 15 0.5 6.8 65 0.1
KL24-03 372 375 1.29 12900 0.77 2 30 6 1 26 3 18 0.3 7.3 64 0.1
KL24-03 375 378 1.19 11900 0.85 1.8 31 6 0.01 32 1 16 0.3 6.8 65 0.01
KL24-03 378 381 1.2 12000 0.64 1.9 40 8 2 20 3 16 0.4 7.8 78 0.01
KL24-03 381 384 1.45 14500 0.69 2.6 38 7 2 55 3 16 2.4 8.3 83 0.12
KL24-03 384 387 1.45 14500 0.76 2.6 54 7 1 201 1 21 0.2 6.5 65 0.1
KL24-03 387 390 0.93 9300 0.42 1.6 48 6 2 121 1 15 0.9 6.1 64 0.01
KL24-03 390 394.25 1 10000 0.48 2.8 78 8 0.01 95 1 22 1.7 4.3 64 0.01
KL24-03 394.25 397.5 1 10000 0.76 6.1 152 15 11 47 0.01 26 2.7 7.3 54 0.01
KL24-03 397.5 400.5 0.67 6700 0.63 5.4 147 24 3 41 1 16 0.2 9.3 52 0.01
KL24-03 400.5 403.5 1.67 16700 1.49 11.1 160 22 4 130 0.01 24 2.6 11.0 61 0.1
KL24-03 403.5 405.8 0.37 3700 1.94 1.9 113 168 13 74 0.01 16 1 10.8 52 0.23
KL24-03 405.8 408 1.05 10500 2.7 3.3 1100 880 34 275 0.01 20 2.7 8.7 60 0.63
KL24-03 408 411 1.12 11200 2.39 3.8 380 175 29 77 1 20 2.5 11.9 43 0.55
KL24-03 411 414 0.77 7700 1.42 2.8 580 332 25 110 0.01 21 1.4 9.3 56 0.52
KL24-03 414 415.8 1.46 14600 1.28 2.8 155 120 5 132 0.01 42 0.01 10.8 75 0.32
KL24-03 415.8 417.3 0.92 9200 0.44 2.2 71 20 19 25 0.01 12 0.4 2.9 114 0.1
KL24-03 417.3 420 1.22 12200 0.6 2.6 1090 420 120 297 0.01 16 5.4 6.5 194 2.16
KL24-03 420 423 0.76 7600 0.2 2.3 1120 296 1970 1000 0.01 9 26 6.3 208 2.08
KL24-03 423 425.5 0.77 7700 0.15 2.7 214 187 1720 205 0.01 9 16 4.0 198 0.35
KL24-03 425.5 428.5 0.71 7100 0.23 4 1000 910 1300 318 7 11 36 5.2 227 0.79
KL24-03 428.5 431.5 0.65 6500 0.2 6 700 197 1870 197 0.01 10 30 5.5 197 0.85
KL24-03 431.5 434.3 0.45 4500 0.13 5.9 650 183 1020 121 1 8 28 4.7 180 0.51
KL24-03 434.3 438 0.55 5500 0.19 5.8 1600 670 1550 210 0.01 11 54 5.9 215 1.61
KL24-03 438 441.25 0.95 9500 1.12 25.6 1660 8150 2800 100 14 14 56 8.8 85 4.1
KL24-03 441.25 442.75 2.76 27600 2.35 30 220 71 25 109 1 26 0.7 12.5 51 0.13
KL24-03 442.75 445.5 1.27 12700 1.72 8 149 24 11 133 14 60 0.01 17.9 65 0.01
KL24-03 445.5 448.5 1.37 13700 3.44 13.3 144 20 13 20 28 53 0.4 16.3 78 0.01
KL24-03 448.5 451.5 1.63 16300 5.51 9.1 373 20 11 46 19 30 0.7 10.3 59 0.01
KL24-03 451.5 454.5 2.24 22400 2.35 13.1 261 34 33 81 9 38 0.3 32.0 58 0.01
KL24-03 454.5 457.5 1.27 12700 1.57 6.5 167 108 80 19 12 48 0.7 20.2 57 0.01
KL24-03 457.5 460.5 0.69 6900 1.27 4.8 107 21 77 23 23 12 0.7 47.8 97 0.01
KL24-03 460.5 464 0.62 6200 1.08 3.9 150 24 30 47 35 13 0.01 37.9 58 0.01
KL24-03 464 466.5 0.7 7000 0.65 3.5 78 10 21 5 22 23 0.2 57.0 40 0.01
KL24-03 466.5 471.95 2.23 22300 2.1 14.9 181 15 22 35 15 76 0.01 54.0 47 0.01
KL24-03 471.95 475.5 2.15 21500 1.13 9.4 108 25 30 61 4 32 0.2 22.0 38 0.01
KL24-03 475.5 478.5 4.68 46800 1.04 28.6 249 23 39 50 2 28 1.4 16.3 47 0.01
KL24-03 478.5 481.5 3.25 32500 1.42 13.6 141 16 18 36 2 48 0.3 22.0 51 0.01
KL24-03 481.5 483.9 1.59 15900 0.76 4.9 70 12 23 27 2 17 0.01 15.8 41 0.01
KL24-03 483.9 487.5 2.14 21400 0.89 8.3 248 40 53 48 1 23 1.1 17.0 59 0.01
KL24-03 487.5 490.5 3 30000 1 9.5 97 9 14 89 2 39 0.3 29.0 88 0.01
KL24-03 490.5 492.5 1.96 19600 0.62 7.4 80 10 33 88 1 24 0.2 13.5 54 0.01
KL24-03 492.5 495 2.5 25000 1.24 7.3 165 10 30 520 1 20 0.01 24.0 45 0.01
KL24-03 495 497.35 2.43 24300 2.12 7.4 1140 8 36 233 2 23 0.01 33.0 51 0.01
KL24-03 497.35 501 2.82 28200 2.75 16 1120 10 27 268 2 23 0.4 12.0 51 0.01
KL24-03 501 504.2 1.33 13300 1.78 14.7 1090 30 23 248 3 21 0.01 17.6 48 0.11
KL24-03 504.2 505.65 3.66 36600 4.15 22.2 4790 67 13 15 2 69 0.2 21.0 36 0.01
KL24-03 505.65 506.7 2.77 27700 1.5 22.1 20500 55 7 16 4 64 0.2 16.5 34 0.01
KL24-03 506.7 510.2 0.6 6000 0.29 3.8 1550 205 7 10 1 5 0.2 3.9 14 0.01
KL24-03 510.2 512.4 0.99 9900 1.66 5.7 4920 25 8 32 4 48 0.3 11.3 64 0.01
KL24-03 512.4 515.5 0.0254 254 0.06 0.1 252 71 4 5 0.01 1 0.2 0.0 14 0.01
KL24-03 515.5 517.65



Appendix V - 82 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-03 517.65 520.65
KL24-03 520.65 523.55
KL24-03 523.55 526.3
KL24-03 526.3 528
KL24-03 528 532.5
KL24-03 532.5 535.6
KL24-03 535.6 538
KL24-03 538 541
KL24-03 541 544.5
KL24-03 544.5 547.5
KL24-03 547.5 550.25
KL24-03 553.9 564.5
KL24-03 564.5 568.35
KL24-03 568.35 571.35
KL24-03 571.35 574.4
KL24-03 574.4 577.4
KL24-03 577.4 580.45
KL24-03 580.45 583.45
KL24-03 586.6 598.3
KL24-03 598.3 601.65
KL24-03 601.65 604.45
KL24-03 604.45 607.65
KL24-03 607.65 610.4
KL24-03 610.4 613
KL24-03 613 616.5
KL24-03 616.5 619
KL24-03 619 622.35
KL24-03 622.35 625.5
KL24-03 625.5 628.5
KL24-03 628.5 631.7
KL24-03 631.7 634.65
KL24-03 634.65 637.4
KL24-03 637.4 640.3
KL24-03 640.3 643.5
KL24-03 643.5 646.7
KL24-03 646.7 649.8
KL24-03 649.8 652.5
KL24-03 652.5 655.8
KL24-03 655.8 658.5
KL24-03 658.5 661.5
KL24-03 661.5 664.5
KL24-03 664.5 667.65
KL24-03 667.65 670.8
KL24-03 673.3 676.4 0.35 3500 0.14 0.7 42 7 0.01 150 0.01 8 0.2 7.3 23 0.01
KL24-03 676.4 679.4 1.09 10900 0.53 1 151 1 1 13 0.01 21 0.01 8.5 66 0.01
KL24-03 679.4 681.6 0.93 9300 0.53 1.6 103 5 1 440 0.01 21 0.5 9.3 51 0.01
KL24-03 681.6 685.2 1.04 10400 0.52 1.5 98 5 3 59 0.01 22 0.01 9.4 55 0.01
KL24-03 685.2 689.2 0.65 6500 0.31 1 66 1 1 46 0.01 15 0.01 6.0 44 0.01
KL24-03 689.2 692.1 0.279 2790 0.16 0.8 33 1 1 28 0.01 8 0.01 3.3 33 0.01
KL24-03 692.1 694.2 0.162 1620 0.05 0.6 23 1 1 20 0.01 7 0.01 3.0 93 0.01
KL24-03 694.2 697 0.091 910 0.01 0.6 16 1 1 372 0.01 6 0.01 1.3 240 0.01
KL24-03 697 700.7 1.1 11000 0.33 3.2 100 5 0.01 121 0.01 23 0.01 26.3 41 0.01
KL24-03 700.7 703.5 0.264 2640 0.08 0.1 23 5 0.01 58 0.01 5 0.01 4.0 26 0.01
KL24-03 703.5 706.5 0.089 890 0.04 0.1 14 1 2 69 0.01 3 0.01 1.5 20 0.01
KL24-03 706.5 709.25 0.22 2200 0.06 0.6 20 1 0.01 183 0.01 2 0.01 3.5 51 0.01
KL24-03 709.25 712.5 0.243 2430 0.1 1.2 65 30 19 180 0.01 8 6.2 2.2 240 0.12
KL24-03 712.5 715.5 0.275 2750 0.06 1.4 166 11 11 192 1 7 3.1 4.1 293 0.11
KL24-03 715.5 718.5 0.158 1580 0.05 0.1 18 1 1 310 0.01 1 0.01 2.3 32 0.01
KL24-03 718.5 721.5 0.266 2660 0.11 1 510 90 13 295 0.01 8 3 3.8 120 0.14
KL24-03 721.5 724.5 0.49 4900 0.26 1 37 6 2 440 0.01 9 0.01 7.9 208 0.01
KL24-03 724.5 727.5 0.338 3380 0.18 0.1 22 1 4 295 0.01 4 0.01 4.7 237 0.01
KL24-03 727.5 730.5 0.21 2100 0.06 0.1 30 7 3 390 0.01 7 0.6 3.4 32 0.01
KL24-03 730.5 733.5 0.17 1700 0.05 0.1 18 1 0.01 303 0.01 11 0.01 2.0 26 0.01



Appendix V - 83 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-03 733.5 736.5 0.157 1570 0.02 0.6 31 5 3 410 0.01 5 0.01 2.3 38 0.01
KL24-03 736.5 739.5 0.523 5230 0.1 1 28 1 0.01 490 0.01 8 0.01 4.5 16 0.01
KL24-03 739.5 742.5 0.75 7500 0.22 2.1 96 9 11 326 0.01 15 1.3 4.8 14 0.01
KL24-03 742.5 745.5 0.71 7100 0.23 2.2 86 41 0.01 225 0.01 6 0.01 4.9 13 0.01
KL24-03 745.5 747.45 0.341 3410 0.14 0.8 45 11 2 224 0.01 15 0.01 5.3 17 0.01
KL24-03 747.45 751.5 0.335 3350 0.19 0.9 40 5 4 96 0.01 15 0.01 4.1 18 0.01
KL24-03 751.5 754.5 0.59 5900 0.26 3.1 72 22 5 103 0.01 13 0.01 7.0 11 0.01
KL24-03 754.5 757.5 0.68 6800 0.51 2.1 128 8 5 272 0.01 16 0.01 8.0 17 0.01
KL24-03 757.5 760.5 0.76 7600 0.42 2 101 1 2 25 0.01 16 0.01 9.2 23 0.01
KL24-03 760.5 763.5 0.149 1490 0.19 0.7 32 1 1 184 0.01 12 0.01 4.3 12 0.01
KL24-03 763.5 766.5 0.273 2730 0.02 0.1 17 1 0.01 152 0.01 3 0.01 3.5 12 0.01
KL24-03 766.5 768.9 0.183 1830 0.06 0.5 27 1 10 84 0.01 10 0.01 2.5 8 0.01
KL24-03 768.9 772.5 1.32 13200 0.67 2.3 194 6 3 91 0.01 34 0.01 12.8 23 0.01
KL24-03 772.5 775.5 1.15 11500 0.73 2.5 202 6 2 33 1 38 0.01 10.0 29 0.01
KL24-03 775.5 778.5 1.83 18300 0.96 4.4 219 1 2 97 0.01 36 0.01 11.9 16 0.01
KL24-03 778.5 781.5 2.94 29400 1.56 8.2 393 6 3 59 0.01 48 0.01 17.0 29 0.01
KL24-03 781.5 784.5 1.61 16100 0.83 4.9 395 5 3 159 0.01 43 0.01 9.7 35 0.01
KL24-03 784.5 787.5 1.84 18400 0.85 6 283 6 3 49 0.01 27 0.01 9.5 26 0.01
KL24-03 787.5 790.5 2.07 20700 0.92 7.2 480 7 5 31 0.01 69 0.01 13.5 38 0.01
KL24-03 790.5 793.5 1.66 16600 1.54 7.4 530 13 4 460 0.01 46 0.01 16.9 38 0.01
KL24-03 793.5 796.5 0.74 7400 0.36 2.9 212 6 5 94 0.01 26 0.01 12.0 32 0.01
KL24-03 796.5 799.5 1.2 12000 0.63 4.4 277 8 6 168 0.01 26 0.01 9.5 40 0.01
KL24-03 799.5 801.2 0.97 9700 0.59 6.7 720 5 10 26 0.01 22 0.3 11.7 30 0.01
KL24-03 801.2 804.1 1 10000 0.56 6.6 440 7 7 61 0.01 31 0.01 15.3 50 0.01
KL24-03 804.1 808.5 1.02 10200 0.45 5.8 660 1 5 63 0.01 25 0.01 12.3 26 0.01
KL24-03 808.5 811.25 1 10000 0.43 5.8 680 1 6 15 1 23 0.01 8.3 30 0.01
KL24-03 811.25 814.5 1.62 16200 0.86 5.7 368 1 3 136 1 47 0.01 14.5 22 0.01
KL24-03 814.5 817.5 1.27 12700 0.61 4.1 206 1 13 32 0.01 47 0.01 11.5 30 0.01
KL24-03 817.5 820.5 1.52 15200 0.64 4.1 268 1 2 66 0.01 39 0.01 13.2 30 0.01
KL24-03 820.5 823.5 1.74 17400 1.07 8.4 680 6 3 30 1 60 0.01 15.0 32 0.01
KL24-03 823.5 826.5 0.98 9800 0.59 8.5 1530 7 3 40 0.01 32 0.01 16.8 30 0.01
KL24-03 826.5 829.5 0.75 7500 0.38 6.2 460 6 4 22 0.01 23 0.01 15.3 28 0.01
KL24-03 829.5 832 0.513 5130 0.59 4.1 710 10 5 95 1 20 0.01 17.8 52 0.01
KL24-03 832 835.5 0.175 1750 0.07 1.7 208 7 2 14 0.01 12 0.01 4.5 26 0.01
KL24-03 835.5 838.5 0.12 1200 0.04 1.5 189 8 1 6 0.01 17 0.01 2.3 22 0.01
KL24-03 838.5 841.5 0.22 2200 0.1 3.4 248 6 1 21 1 14 0.01 4.5 15 0.01
KL24-03 841.5 844.5 0.501 5010 0.2 3.5 367 7 2 9 1 22 0.4 9.0 11 0.01
KL24-03 844.5 845.9 0.108 1080 0.09 1.6 176 6 3 4 0.01 10 0.2 3.0 13 0.01
KL24-03 845.9 847.5 0.96 9600 0.81 6.2 269 7 10 88 0.01 22 0.7 10.5 25 0.01
KL24-03 847.5 850.5 0.73 7300 0.4 10.8 370 36 310 51 0.01 19 16 9.9 49 0.15
KL24-03 850.5 853.5 1.08 10800 0.69 7.9 142 19 25 9 2 32 3.4 11.9 34 0.01
KL24-03 853.5 857 1.43 14300 0.89 6.1 267 7 5 9 1 29 0.3 8.9 31 0.01
KL24-03 857 860 1.64 16400 0.97 7.3 245 9 10 58 0.01 34 0.2 13.2 30 0.01
KL24-03 860 863 0.61 6100 0.36 3.2 94 6 18 121 0.01 16 0.01 7.0 36 0.01
KL24-03 863 866 1.76 17600 1.05 7.7 402 7 10 42 0.01 36 0.7 11.5 53 0.01
KL24-03 866 869 1.65 16500 1.11 6.8 293 7 4 33 1 44 1.4 10.4 54 0.01
KL24-03 869 872 3.34 33400 1.41 16.1 1220 8 7 76 0.01 61 0.01 18.0 57 0.01
KL24-03 872 874 2.24 22400 1.68 15.2 1070 5 3 26 1 46 0.01 12.0 59 0.01
KL24-03 874 876 1.92 19200 1.07 12 900 6 6 23 0.01 36 0.3 9.5 63 0.01
KL24-03 876 879 1.33 13300 0.54 7.3 375 7 5 86 2 26 0.01 13.5 40 0.01
KL24-03 879 882 0.62 6200 0.27 4.6 328 8 7 134 2 17 0.01 21.3 36 0.01
KL24-03 882 885
KL24-03 885 888
KL24-03 888 891.5
KL24-03 891.5 895
KL24-03 895 898
KL24-03 898 901
KL24-03 901 904
KL24-05 0 2.5 0.0018 18 0.01 0.1 31 44 2 1 0.01 1 0.01 0.0 22 0.01
KL24-05 2.5 5.5 0.0051 51 0.01 0.1 117 87 7 3 0.01 2 0.5 0.9 24 0.01
KL24-05 5.5 8.5 0.0021 21 0.02 0.9 140 57 24 2 0.01 1 1.2 1.4 25 0.01
KL24-05 8.5 11.5 0.0021 21 0.01 0.1 41 33 6 1 0.01 2 0.2 0.7 21 0.01
KL24-05 11.5 14.5 0.0037 37 0.01 0.1 36 41 4 1 0.01 1 0.2 0.0 14 0.01



Appendix V - 84 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-05 14.5 17.5 0.003 30 0.01 0.1 52 37 8 1 0.01 1 0.6 0.9 27 0.01
KL24-05 17.5 21.3 0.0033 33 0.01 0.1 56 57 20 1 0.01 1 0.8 2.3 27 0.01
KL24-05 21.3 25 0.024 240 0.03 0.1 87 171 18 1 0.01 1 1 4.8 33 0.01
KL24-05 25 28 0.0034 34 0.05 1.3 183 730 17 1 0.01 4 0.8 5.5 71 0.01
KL24-05 28 31 0.0072 72 0.08 4 254 820 39 1 0.01 3 1.3 3.6 62 0.01
KL24-05 31 34 0.027 270 1.12 20.1 6500 4940 200 36 32 2 8 21.8 42 0.44
KL24-05 34 37 0.05 500 3.4 29.8 23900 6020 680 44 64 4 19.6 28.4 170 2.16
KL24-05 37 39.7 0.0141 141 0.09 2.6 2410 1900 160 20 3 3 1.2 1.7 30 0.01
KL24-05 39.7 43 0.0148 148 0.21 1.2 218 113 17 7 2 2 1.1 1.3 211 0.01
KL24-05 43 45.8 0.0076 76 0.06 0.7 660 640 7 5 2 2 1.5 1.5 66 0.01
KL24-05 45.8 47.5 0.01 100 0.1 0.5 500 254 19 7 1 1 0.9 0.7 20 0.01
KL24-05 47.5 49.7 0.0139 139 0.04 0.1 365 270 23 7 0.01 1 0.9 0.0 30 0.01
KL24-05 49.7 52 0.0052 52 0.1 1 242 210 49 6 2 1 0.9 1.1 110 0.01
KL24-05 52 55 0.0075 75 0.03 0.1 185 257 5 6 1 1 0.8 1.2 9 0.01
KL24-05 55 58 0.01 100 0.03 0.1 350 350 8 4 2 2 0.9 1.7 11 0.01
KL24-05 58 61.1 0.0074 74 0.02 0.1 310 181 8 6 1 1 0.8 0.0 8 0.01
KL24-05 61.1 62.5 0.0045 45 0.03 0.1 307 113 29 3 0.01 1 2.2 0.0 12 0.01
KL24-05 62.5 65.5 0.005 50 0.02 0.1 149 180 26 1 0.01 1 3.1 0.0 14 0.01
KL24-05 65.5 68 0.0094 94 0.03 1.4 421 337 34 6 2 1 3.5 0.0 19 0.01
KL24-05 68 71.3 0.021 210 0.1 3.3 337 570 45 20 13 1 3 3.0 25 0.01
KL24-05 71.3 74 0.0092 92 0.04 3.2 267 1750 28 1 1 1 1.7 2.8 22 0.01
KL24-05 74 77.3 0.0051 51 0.02 4.5 460 1310 25 3 0.01 1 2.6 0.7 15 0.01
KL24-05 77.3 80.3 0.0046 46 0.01 9.8 1390 3400 14 5 0.01 1 4.3 1.3 18 0.01
KL24-05 80.3 83.5 0.0078 78 0.03 2.4 287 640 10 2 0.01 1 1.5 0.0 16 0.01
KL24-05 83.5 85.5 0.0024 24 0.04 2.1 297 730 6 5 1 1 1.3 0.0 26 0.01
KL24-05 85.5 88 0.0053 53 0.05 3.8 920 1640 12 5 2 1 2.4 2.9 26 0.01
KL24-05 88 90.7 0.0114 114 0.13 24.5 361 1630 50 4 2 1 6 2.7 31 0.12
KL24-05 90.7 93 0.0047 47 0.05 9.7 231 550 22 8 1 1 2.2 1.3 26 0.01
KL24-05 93 97 0.0044 44 0.09 8.6 470 1020 20 7 1 1 0.8 0.8 25 0.01
KL24-05 97 101 0.002 20 0.04 5.7 590 1040 19 12 0.01 1 1.8 1.2 21 0.01
KL24-05 101 104.5 0.0082 82 0.05 4 340 750 15 9 2 1 1.5 2.3 22 0.01
KL24-05 104.5 106.2 0.0025 25 0.04 8.1 450 530 11 22 0.01 1 1 0.0 12 0.01
KL24-05 106.2 109 0.0017 17 0.04 12.8 200 412 6 11 0.01 1 0.6 0.0 11 0.01
KL24-05 109 112 0.0029 29 0.02 7.3 308 880 6 12 0.01 1 1.5 0.0 15 0.01
KL24-05 112 115 0.001 10 0.01 1.8 184 230 4 6 0.01 1 0.5 0.0 13 0.01
KL24-05 115 118 0.0014 14 0.01 2.3 195 720 6 4 0.01 1 1 0.0 13 0.01
KL24-05 118 121 0.0052 52 0.01 3.6 312 1200 7 10 0.01 1 3 0.8 12 0.01
KL24-05 121 123.5 0.0042 42 0.01 2.1 170 540 21 22 0.01 1 1.1 0.9 18 0.01
KL24-05 123.5 126 0.0098 98 0.02 4.2 329 1050 16 20 0.01 1 2.1 3.4 24 0.01
KL24-05 126 129 0.0234 234 0.01 4.7 200 1240 25 60 1 1 2.9 2.9 25 0.01
KL24-05 129 132 0.0094 94 0.01 4.7 237 2590 15 71 2 1 3.3 2.3 21 0.01
KL24-05 132 134.4 0.0029 29 0.01 2.8 440 830 5 7 0.01 1 1 1.4 16 0.01
KL24-05 134.4 137.5 0.0033 33 0.01 4.3 610 1370 9 7 1 1 2 1.1 12 0.01
KL24-05 137.5 140.5 0.0024 24 0.01 1.8 180 358 7 6 0.01 1 1.2 1.9 16 0.01
KL24-05 140.5 143.5 0.0019 19 0.01 0.9 145 265 7 6 0.01 1 0.8 0.9 13 0.01
KL24-05 143.5 146 0.0019 19 0.01 0.8 381 163 5 5 0.01 1 0.8 0.7 13 0.01
KL24-05 146 149.2 0.0032 32 0.01 0.1 143 136 3 1 0.01 1 0.6 0.7 17 0.01
KL24-05 149.2 152.4 0.0023 23 0.01 2.6 1380 1270 15 3 0.01 1 2.9 1.7 17 0.01
KL24-05 152.4 155.5 0.0189 189 0.02 1.1 271 410 21 9 0.01 1 1.5 1.5 16 0.01
KL24-05 155.5 158.5 0.004 40 0.01 0.6 70 187 14 12 0.01 1 0.8 1.1 26 0.01
KL24-05 158.5 161.5 0.02 200 0.14 31.9 13100 14100 27 85 0.01 1 38 24.2 21 0.18
KL24-05 161.5 164.5 0.0052 52 0.04 6.2 1540 3870 11 16 3 1 3.4 2.6 16 0.01
KL24-05 164.5 167.5 0.0043 43 0.06 5.2 1680 4500 11 55 4 1 3.1 2.6 13 0.01
KL24-05 167.5 170 0.0035 35 0.02 2 930 1800 5 77 1 1 2.2 2.6 16 0.01
KL24-05 170 173.5 0.0034 34 0.02 0.9 450 780 6 62 1 1 0.8 1.4 15 0.01
KL24-05 173.5 176.5 0.0018 18 0.01 0.1 143 380 3 13 0.01 1 0.3 1.7 19 0.01
KL24-05 176.5 179.5 0.0046 46 0.01 0.1 141 272 4 13 0.01 1 0.8 2.1 20 0.01
KL24-05 179.5 182.5 0.0023 23 0.01 0.5 283 295 4 21 0.01 1 0.6 1.4 14 0.01
KL24-05 182.5 185.5 0.0038 38 0.01 0.6 324 387 8 17 0.01 1 0.5 1.1 19 0.01
KL24-05 185.5 188.5 0.017 170 0.11 6.9 4770 1790 19 18 176 2 2.3 64.0 23 0.01
KL24-05 188.5 191.5 0.0128 128 0.24 5.8 3030 1250 35 7 34 1 2.6 43.0 18 0.01
KL24-05 191.5 194 0.01 100 0.02 1.4 1220 950 14 22 4 1 1.8 3.0 11 0.01
KL24-05 194 196 0.0126 126 0.14 12.7 470 1850 56 1180 248 1 2.3 32.4 66 0.01



Appendix V - 85 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-05 196 199 0.085 850 0.45 12.5 3350 6900 92 3750 186 3 8 26.6 60 0.16
KL24-05 199 202 0.396 3960 0.81 14 6000 3260 58 860 77 10 3.7 8.8 60 0.15
KL24-05 202 204.8 0.13 1300 0.56 3.2 2700 362 110 71 11 8 4.9 8.1 19 0.01
KL24-05 204.8 206.4 0.27 2700 1 3.9 23900 127 31 63 540 12 0.4 76.8 24 0.01
KL24-05 206.4 209.5 0.67 6700 3 11 40000 95 47 280 1440 22 1.7 131.0 24 0.01
KL24-05 209.5 212.5 0.69 6900 2.52 8 1320 62 22 680 1560 37 1.1 140.0 31 0.01
KL24-05 212.5 215.7 0.43 4300 1.91 2.7 137 95 33 1360 350 15 0.01 10.1 37 0.01
KL24-05 215.7 217.2 1.47 14700 3.79 12 371 117 35 2525 218 57 0.01 16.8 66 0.01
KL24-05 217.2 221.2 0.7 7000 1.89 4.2 417 86 56 4750 88 19 0.9 23.1 57 0.01
KL24-05 221.2 222.6 0.337 3370 1.41 2.3 479 49 26 179 110 6 0.2 6.2 28 0.01
KL24-05 222.6 223.9 1.01 10100 2.44 6.8 13100 45 43 400 248 22 0.9 24.0 54 0.01
KL24-05 223.9 226.6 0.398 3980 1.2 1.6 5200 22 13 19 51 12 0.3 9.3 18 0.01
KL24-05 226.6 229.6 0.371 3710 0.94 1.4 575 18 12 145 11 8 0.01 7.2 33 0.01
KL24-05 229.6 232 1.08 10800 1.5 2 291 27 32 208 2 8 0.01 6.2 35 0.01
KL24-05 232 235 0.133 1330 0.41 1.3 91 44 37 2800 11 4 0.7 7.4 25 0.01
KL24-05 235 238 0.097 970 0.4 1 50 26 31 2975 7 3 0.8 6.5 55 0.01
KL24-05 238 239.5 1.2 12000 2.52 8.2 910 41 27 130 15 18 2.2 22.0 69 0.01
KL24-05 239.5 242.5 1.26 12600 5.83 25.2 43800 2330 24 198 156 14 1 15.4 44 0.01
KL24-05 242.5 244.7 0.49 4900 2.43 4.3 9600 162 20 24 36 5 1 27.0 26 0.01
KL24-05 244.7 247 1.31 13100 5.54 7.4 2800 306 10 50 108 6 1.9 31.5 25 0.01
KL24-05 247 250 0.389 3890 1.35 1.5 3060 48 7 65 14 9 0.5 39.4 53 0.01
KL24-05 250 253 0.41 4100 0.48 0.8 158 17 4 78 6 41 0.3 37.5 35 0.01
KL24-05 253 256 0.394 3940 0.59 0.9 94 12 6 174 5 58 0.2 35.0 57 0.01
KL24-05 256 259.7 1.08 10800 1.34 2.8 234 12 6 65 5 31 0.4 47.0 23 0.01
KL24-05 259.7 262 3.63 36300 4.85 6.3 520 153 9 165 2 68 0.2 40.0 45 0.01
KL24-05 262 264 3.05 30500 3.25 5.4 182 13 2 137 1 51 0.01 28.0 57 0.01
KL24-05 264 265 1.69 16900 1.26 3.6 113 10 2 206 1 45 0.01 7.0 27 0.01
KL24-05 265 267 2.54 25400 1.61 2.7 300 25 4 160 0.01 43 0.2 16.5 87 0.01
KL24-05 267 269.5 2.61 26100 1.95 4 146 15 3 47 1 55 0.3 21.0 61 0.01
KL24-05 269.5 272.5 3.64 36400 2.33 17.3 2140 600 29 570 1 55 2.7 15.0 48 0.29
KL24-05 272.5 275 1.68 16800 1.03 17.5 1140 1200 510 640 1 46 188 15.5 93 0.39
KL24-05 275 277 2.79 27900 2.11 5.7 322 106 54 434 2 38 5.5 23.5 118 0.01
KL24-05 277 280 3.01 30100 1.41 2.6 104 28 14 288 0.01 37 2.9 17.5 143 0.01
KL24-05 280 283 3.82 38200 3.42 27.8 6900 5010 1120 560 1 31 720 30.0 169 1.85
KL24-05 283 286 3.8 38000 2.59 8.4 247 103 280 750 1 54 18 29.0 161 0.01
KL24-05 286 289 7.05 70500 3.68 13.9 430 164 1250 450 1 80 38 52.5 157 0.01
KL24-05 289 292.1 5.31 53100 2 18.2 1140 610 2000 1460 1 46 40 20.9 172 0.57
KL24-05 292.1 295 1.56 15600 0.39 4 217 180 220 1220 4 13 3.5 11.5 90 0.17
KL24-05 295 298 0.67 6700 0.14 1.9 153 188 290 780 1 7 2.1 9.3 127 0.1
KL24-05 298 301 0.71 7100 0.27 2.8 288 312 410 1210 4 10 9.2 9.3 122 0.11
KL24-05 301 303 1.55 15500 1.17 4.1 427 385 39 1400 0.01 17 2.7 18.5 145 0.17
KL24-05 303 305 3.56 35600 3.19 7.2 224 21 4 470 0.01 110 0.2 16.0 98 0.01
KL24-05 305 308.6 1.46 14600 2.24 8 241 18 5 62 3 31 0.5 12.3 53 0.01
KL24-05 308.6 311.5 1.47 14700 3.96 9.4 376 14 6 6 4 60 0.3 22.8 86 0.01
KL24-05 311.5 312.5 2.38 23800 6.24 18.1 660 15 13 10 3 67 0.4 21.0 63 0.01
KL24-05 312.5 314.8 2.36 23600 4.36 15.4 640 18 3 19 3 136 0.3 24.5 59 0.01
KL24-05 314.8 316.9 4.04 40400 5.18 19.3 3700 20 3 530 2 105 0.01 28.0 93 0.01
KL24-05 316.9 319.8 2.25 22500 3.58 10.2 15500 14 7 197 4 197 0.3 46.5 84 0.01
KL24-05 319.8 322.1 3 30000 3.04 13.7 6300 12 2 89 4 188 0.01 37.5 82 0.01
KL24-05 322.1 325 1.63 16300 2.42 13.4 2200 11 7 95 2 64 0.2 17.5 47 0.01
KL24-05 325 326.1 0.97 9700 0.72 4.9 261 10 7 23 1 61 0.01 7.5 53 0.01
KL24-05 326.1 327.7 7.56 75600 6.35 35 34300 14 3 31 5 144 0.01 22.5 59 0.01
KL24-05 327.7 329 2.98 29800 2.75 17 20700 12 2 167 46 60 0.01 20.5 55 0.01
KL24-05 329 330.4 1.1 11000 0.75 5.2 650 11 15 48 10 80 0.01 19.5 83 0.01
KL24-05 330.4 331.8 1.08 10800 0.85 6.1 415 13 13 45 2 78 0.01 16.5 82 0.01
KL24-05 331.8 332.5 14.1 141000 12.4 122 740 12 15 16 62 179 0.01 47.5 57 0.01
KL24-05 332.5 334 1.58 15800 1.28 11.8 187 14 9 57 9 67 0.2 23.3 62 0.01
KL24-05 334 335.9 3.37 33700 3.62 32.5 610 41 20 328 80 98 0.2 34.0 86 0.01
KL24-05 335.9 337 1.08 10800 1.01 9.3 376 18 32 134 38 59 0.5 103.0 108 0.01
KL24-05 337 339.3 2.69 26900 1.48 11.8 7000 26 50 21 76 18 2.8 68.0 162 0.01
KL24-05 339.2 341.5 0.59 5900 0.65 2.6 770 38 39 3 8 2 1.8 3.6 23 0.01
KL24-05 341.5 344.5 0.0267 267 0.19 1.5 710 2700 43 5 1 1 3.8 1.6 25 0.01
KL24-05 344.5 347.5 0.0247 247 0.05 0.1 164 29 15 4 4 1 0.5 0.9 14 0.01



Appendix V - 86 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-05 347.5 350.5 0.015 150 0.06 0.1 124 50 23 2 0.01 1 0.7 0.8 18 0.01
KL24-05 350.5 353.5 0.0124 124 0.1 0.1 153 166 32 3 2 2 0.8 2.0 25 0.01
KL24-05 353.5 356.5 0.22 2200 0.25 0.5 116 50 50 29 2 3 1.6 2.4 25 0.01
KL24-05 356.5 359.5 0.0154 154 0.06 0.1 106 22 26 4 1 1 1.3 0.5 19 0.01
KL24-05 359.5 362.5 0.0115 115 0.04 0.1 65 18 12 2 0.01 1 0.4 0.0 17 0.01
KL24-05 362.5 365.5 0.0092 92 0.04 0.1 64 98 15 2 2 1 0.6 1.3 16 0.01
KL24-05 365.5 368.5 0.0085 85 0.1 0.1 100 30 40 2 1 2 1.4 1.0 22 0.01
KL24-05 368.5 371.5 0.0071 71 0.23 0.1 245 39 3 3 0.01 2 1.4 1.5 35 0.01
KL24-05 371.5 373 0.0056 56 0.02 0.1 39 24 10 2 0.01 1 0.2 0.0 11 0.01
KL24-06 0 3 0.0074 74 0.01 0.1 69 31 5 1 0.01 1 0.2 1.2 23 0.01
KL24-06 3 5 0.0023 23 0.03 0.1 156 48 7 1 0.01 1 0.8 1.1 24 0.01
KL24-06 5 8 0.002 20 0.02 0.1 104 46 17 3 0.01 1 1.3 1.9 22 0.01
KL24-06 8 11 0.0026 26 0.01 0.1 44 28 7 1 0.01 1 0.9 1.0 34 0.01
KL24-06 11 14 0.0035 35 0.01 0.1 50 22 4 1 0.01 1 0.4 1.5 33 0.01
KL24-06 14 17 0.0042 42 0.01 0.1 32 27 7 1 0.01 1 0.4 1.0 20 0.01
KL24-06 17 20 0.0016 16 0.01 0.1 130 75 8 1 0.01 1 0.4 1.9 32 0.01
KL24-06 20 23 0.0015 15 0.01 0.1 77 35 8 1 0.01 1 0.8 1.8 30 0.01
KL24-06 23 26 0.0042 42 0.01 0.1 55 66 10 1 0.01 1 0.5 2.5 28 0.01
KL24-06 26 29 0.007 70 0.02 0.7 39 348 11 1 0.01 1 1.6 7.9 58 0.01
KL24-06 29 32 0.0195 195 0.01 0.8 34 91 19 2 0.01 2 0.9 2.9 87 0.01
KL24-06 32 34.8 0.029 290 0.11 15.2 46 5010 21 15 0.01 5 5 92.1 110 0.01
KL24-06 34.8 35.4 0.0274 274 0.04 0.6 32 97 32 14 0.01 7 1.3 4.6 114 0.01
KL24-06 35.4 36.2 0.0175 175 0.14 0.7 79 211 35 6 0.01 9 1.7 3.6 63 0.01
KL24-06 36.2 38 0.023 230 0.14 10.2 2500 1600 33 17 13 5 3 25.0 117 0.01
KL24-06 38 41 0.0129 129 0.15 16.5 3700 15200 35 17 7 2 12.6 54.0 35 0.01
KL24-06 41 44 0.0225 225 0.17 2.5 1440 600 27 28 1 1 2.4 3.9 56 0.01
KL24-06 44 47 0.0186 186 0.15 1.5 82 54 21 26 1 2 2 1.0 59 0.01
KL24-06 47 50 0.0149 149 0.05 0.1 42 32 10 13 0.01 1 1 1.3 38 0.01
KL24-06 50 52.2 0.0395 395 0.07 0.6 75 46 25 5 0.01 2 1.4 0.6 42 0.01
KL24-06 52.2 54 0.0367 367 0.15 1 169 128 42 7 3 3 2.7 2.4 38 0.01
KL24-06 54 56 0.0183 183 0.06 0.1 59 45 19 7 1 1 0.9 0.8 39 0.01
KL24-06 56 57.2 0.02 200 0.07 0.1 77 39 10 13 0.01 1 1.8 0.5 25 0.01
KL24-06 57.2 59 0.0214 214 0.1 1.2 160 200 14 7 1 2 1.6 1.4 35 0.01
KL24-06 59 62 0.0173 173 0.11 0.1 372 46 7 4 1 2 0.9 0.8 30 0.01
KL24-06 62 64 0.02 200 0.24 0.1 149 71 22 1 2 2 3 1.9 30 0.01
KL24-06 64 65 0.0154 154 0.27 0.7 163 105 23 1 3 1 2.4 1.9 34 0.01
KL24-06 65 68 0.01 100 0.43 1.2 306 195 34 3 3 2 3.3 2.6 20 0.01
KL24-06 68 77 0.0293 293 0.43 2.8 480 560 160 7 2 2 7.6 3.0 18 0.01
KL24-06 77 80 0.049 490 0.42 1.5 297 354 190 18 1 1 14.5 2.6 23 0.01
KL24-06 80 83 0.38 3800 0.67 9.7 1640 2250 1500 52 7 9 38 4.2 41 0.22
KL24-06 83 84.5 0.057 570 0.43 7.5 302 330 260 30 2 2 12 3.7 36 0.19
KL24-06 84.5 86 0.063 630 0.23 5.2 670 1100 300 18 3 2 5.2 3.2 29 0.01
KL24-06 86 89 0.0116 116 0.08 3.7 109 700 45 4 1 3 1.9 1.8 24 0.01
KL24-06 89 91.5 0.0132 132 0.9 8.9 397 1000 57 22 3 2 7.6 2.2 35 0.01
KL24-06 91.5 93.5 0.0066 66 0.14 3 219 600 17 14 0.01 1 2.4 2.0 16 0.01
KL24-06 93.5 95 0.0051 51 0.08 2.2 172 680 25 16 1 1 2.4 2.9 22 0.01
KL24-06 95 99.7 0.0064 64 0.46 7.8 273 1900 47 6 3 1 4.1 3.9 23 0.01
KL24-06 99.7 102 0.0104 104 0.05 2.6 112 780 18 9 2 1 3.9 4.2 23 0.01
KL24-06 102 107 0.0047 47 0.14 5.1 900 1870 22 3 2 1 6 4.5 30 0.01
KL24-06 107 111.5 0.0018 18 0.06 2.4 179 490 9 10 1 2 0.9 0.6 24 0.01
KL24-06 111.5 113 0.003 30 0.03 4 245 950 6 21 5 1 0.9 2.0 27 0.01
KL24-06 113 115.7 0.002 20 0.02 1.6 178 610 6 4 2 1 2 1.2 28 0.01
KL24-06 115.7 118.5 0.0043 43 0.02 3.6 158 660 12 14 1 1 1.6 1.4 12 0.01
KL24-06 118.5 121.5 0.0035 35 0.01 2.3 341 348 4 5 0.01 1 0.9 1.0 13 0.01
KL24-06 121.5 124 0.057 570 0.05 11.4 1330 3350 120 18 5 1 9 1.8 13 0.01
KL24-06 124 127 0.0032 32 0.02 2 182 800 4 11 0.01 2 2 1.1 16 0.01
KL24-06 127 130 0.0017 17 0.01 1.8 154 600 5 16 1 1 1 0.7 13 0.01
KL24-06 130 133 0.0072 72 0.06 12.5 4400 8000 8 1 0.01 1 10.1 2.8 14 0.01
KL24-06 133 136 0.0043 43 0.02 8.8 1480 5020 9 3 0.01 1 6.9 2.9 11 0.01
KL24-06 136 140.5 0.002 20 0.02 2.2 165 600 13 5 0.01 1 1.6 1.3 16 0.01
KL24-06 140.5 143.2 0.0033 33 0.02 8.1 876 3900 10 5 0.01 2 7.5 2.0 14 0.01
KL24-06 143.2 146 0.0054 54 0.01 2.6 73 308 9 1 0.01 1 1.5 1.0 14 0.01
KL24-06 146 148 0.0101 101 0.01 4.6 43 154 31 1 2 1 1.4 0.5 11 0.01



Appendix V - 87 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-06 148 151 0.0137 137 0.02 7.5 192 600 31 22 3 2 2.9 1.3 21 0.01
KL24-06 151 154 0.0055 55 0.02 3.4 94 520 8 3 2 1 1.2 0.8 14 0.01
KL24-06 154 157 0.0036 36 0.01 2.1 109 301 4 8 2 1 1.1 1.1 18 0.01
KL24-06 157 160 0.0051 51 0.02 2.4 233 560 7 3 1 1 1.4 1.1 13 0.01
KL24-06 160 163 0.0085 85 0.03 14.2 1950 1630 19 5 0.01 1 6.7 3.1 17 0.01
KL24-06 163 165.5 0.0042 42 0.01 1.2 66 169 7 4 0.01 1 1 0.8 14 0.01
KL24-06 165.5 167 0.0032 32 0.01 1.1 92 118 22 6 0.01 2 1.2 1.0 15 0.01
KL24-06 167 169 0.027 270 0.01 0.9 91 49 12 6 0.01 3 0.5 0.7 22 0.01
KL24-06 169 171.5 0.0012 12 0.02 1.2 103 216 3 3 0.01 2 0.5 0.8 14 0.01
KL24-06 171.5 173.5 0.0012 12 0.01 0.7 36 67 4 1 0.01 1 0.3 0.6 12 0.01
KL24-06 173.5 175.5 0.0113 113 0.06 1 71 98 7 7 0.01 1 0.9 2.0 15 0.01
KL24-06 175.5 177.5 0.0049 49 0.03 2.3 580 1140 6 3 0.01 1 1.3 1.2 14 0.01
KL24-06 177.5 180.5 0.0145 145 0.02 1.4 147 388 17 7 0.01 2 1.3 0.6 19 0.01
KL24-06 180.5 183.6 0.0185 185 0.24 12.8 4610 5800 32 59 0.01 2 11.4 3.6 21 0.25
KL24-06 183.6 186.7 0.0031 31 0.09 1.9 329 600 15 4 0.01 1 1.5 1.7 15 0.01
KL24-06 186.7 189.8 0.0063 63 0.16 6.3 6900 6800 25 29 0.01 2 5.7 7.2 18 0.01
KL24-06 189.8 192.8 0.0035 35 0.08 4.2 2100 5500 7 18 1 2 3 2.5 18 0.01
KL24-06 192.8 195.8 0.0015 15 0.05 1.3 166 700 11 23 0.01 1 1 2.7 19 0.01
KL24-06 195.8 198.8 0.0011 11 0.03 0.8 130 376 9 4 0.01 1 0.7 2.8 15 0.01
KL24-06 198.8 201 0.0016 16 0.02 0.8 127 600 9 7 0.01 2 0.3 1.5 11 0.01
KL24-06 201 203.3 0.0027 27 0.05 4 3960 3720 16 9 1 1 3.2 2.3 13 0.01
KL24-06 203.3 205 0.0017 17 0.02 0.9 223 600 7 6 0.01 1 0.3 0.6 15 0.01
KL24-06 205 208 0.0028 28 0.06 0.8 323 380 13 13 1 1 0.4 1.0 20 0.1
KL24-06 208 211 0.0144 144 0.22 8.5 1970 2330 33 126 28 3 1.7 3.7 35 0.48
KL24-06 211 214 0.0044 44 0.12 2 570 700 18 18 2 2 1.2 1.9 18 0.01
KL24-06 214 217 0.0255 255 1.18 9 4500 5200 50 24 16 2 8.6 8.2 33 0.85
KL24-06 217 220 0.0503 503 0.49 5.1 3030 940 72 960 14 3 5.6 7.0 51 0.34
KL24-06 220 223 0.08 800 0.21 1.5 354 117 41 590 12 3 4.3 5.7 116 0.01
KL24-06 223 226 0.063 630 0.38 2.3 640 183 81 810 40 5 7.3 5.2 105 0.01
KL24-06 226 229.2 0.071 710 0.25 1.5 1490 106 33 452 16 4 4.4 4.3 78 0.13
KL24-06 229.2 231.8 0.057 570 0.27 1.3 660 132 53 275 14 1 2.9 4.3 81 0.01
KL24-06 231.8 233.1 0.124 1240 0.28 3.6 11700 440 210 345 16 8 7.9 13.0 70 0.29
KL24-06 233.1 234.9 0.125 1250 0.16 3.1 2300 840 350 20 6 1 12 3.1 23 0.26
KL24-06 234.9 238 0.34 3400 0.9 25.1 21800 5900 900 1667 90 10 32 16.6 63 2.13
KL24-06 238 241 0.348 3480 0.47 8.1 2310 910 260 1100 39 13 4.8 7.2 85 0.62
KL24-06 241 244 0.422 4220 1.04 34 5900 3000 580 4200 460 13 5.3 14.3 100 1.28
KL24-06 244 247 0.45 4500 1.59 155 48500 54400 400 380 470 14 5.9 50.0 107 5.74
KL24-06 247 250 0.27 2700 1.23 38 9900 8300 450 1720 237 9 4.2 24.4 84 1.65
KL24-06 250 253 0.33 3300 1.85 4.9 5100 540 200 900 66 6 2.4 7.3 80 1.17
KL24-06 253 256 0.068 680 1.04 5.6 1000 312 110 1590 63 5 0.9 19.3 51 0.96
KL24-06 256 257 0.095 950 1.26 6.2 1150 315 110 400 113 5 0.6 13.0 51 0.85
KL24-06 257 259 5.07 50700 4.65 62 247000 1560 240 380 550 194 2.1 66.9 50 1.85
KL24-06 259 262 0.79 7900 3.41 18.5 127000 440 310 45 120 91 2.8 62.5 91 0.72
KL24-06 262 265 0.178 1780 0.65 7.5 4430 600 170 42 46 8 1.4 10.8 26 0.3
KL24-06 265 268 0.21 2100 1.2 26.5 7900 6400 180 32 131 18 2.5 17.8 31 0.61
KL24-06 268 271 2.8 28000 4.53 86 51700 7200 250 102 348 88 1.8 29.5 38 0.23
KL24-06 271 274 0.85 8500 2.44 24.3 21900 1130 280 180 122 38 0.9 12.8 33 0.1
KL24-06 274 277 0.183 1830 1.1 11.7 3600 830 120 50 54 15 0.4 9.0 24 0.01
KL24-06 277 280 0.233 2330 0.94 27.2 6000 870 140 29 90 4 0.5 15.5 19 0.01
KL24-06 280 283 0.5 5000 1.72 17.1 16900 480 230 64 144 7 0.7 50.5 32 0.2
KL24-06 283 285 0.156 1560 0.62 3.5 2070 172 140 35 59 14 0.8 12.5 30 0.1
KL24-06 285 288.1 0.37 3700 2 3 9000 60 140 87 93 39 3.2 61.8 42 0.11
KL24-06 288.1 291.2 1.59 15900 3.81 15 7300 66 210 32 204 17 0.9 137.0 47 0.29
KL24-06 291.2 294.3 0.65 6500 1.84 11.2 6800 720 450 74 73 9 1.4 16.8 44 1.5
KL24-06 294.3 295.5 0.58 5800 1.13 10.4 6100 1630 170 34 42 17 2.3 7.6 31 0.7
KL24-06 295.5 297.5 0.044 440 0.24 2.7 1910 630 38 22 17 1 1 3.0 17 0.11
KL24-06 297.5 300.6 0.65 6500 0.96 5.9 2100 128 170 32 29 17 1.8 6.0 31 0.12
KL24-06 300.6 303.7 0.059 590 0.51 5.6 5900 860 90 207 58 3 0.8 6.3 26 0.25
KL24-06 303.7 306.8 0.01 100 0.13 1.7 2160 285 21 56 7 4 0.2 3.8 16 0.01
KL24-06 306.8 308 0.0038 38 0.06 0.1 236 67 12 25 2 1 0.01 1.3 14 0.01
KL24-06 308 311 0.0185 185 0.13 2.1 3320 950 23 133 28 1 0.4 8.0 17 0.11
KL24-06 311 313 0.0203 203 0.21 4.6 9000 6900 120 36 4 1 2.4 3.3 16 0.1
KL24-06 313 316 0.142 1420 0.6 9.3 12500 3400 170 198 40 3 3.3 8.5 32 0.26



Appendix V - 88 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-06 316 319 0.059 590 0.14 1.1 880 182 34 11 1 1 0.4 1.8 16 0.01
KL24-06 319 321 0.016 160 0.06 0.1 265 46 21 3 0.01 1 0.2 1.5 14 0.01
KL24-06 321 324 0.041 410 0.14 2.9 1140 368 50 17 5 1 1.1 2.3 16 0.14
KL24-06 324 327.1 0.0398 398 0.24 47 29200 23300 88 15 4 1 42 25.3 16 0.17
KL24-06 327.1 330.2 0.051 510 0.15 2.6 1880 800 28 25 4 2 0.5 2.8 16 0.01
KL24-06 330.2 333.3 0.0211 211 0.41 2.3 670 420 27 54 25 1 0.3 3.8 16 0.01
KL24-06 333.3 336.4 0.081 810 0.11 1.6 630 270 43 15 3 1 0.01 3.0 12 0.1
KL24-06 336.4 339.4 0.0139 139 0.06 2.7 820 610 20 14 7 1 0.3 3.8 10 0.01
KL24-06 339.4 342.4 0.0283 283 0.06 1 670 189 32 13 2 2 0.6 2.8 14 0.01
KL24-06 342.4 345.4 0.0079 79 0.16 1.1 850 680 17 9 3 1 1.1 4.0 13 0.1
KL24-06 345.4 348.4 0.0397 397 0.17 1.9 810 388 56 25 2 1 1.7 3.3 21 0.01
KL24-06 348.4 351.8 0.0071 71 0.06 2.4 550 303 13 10 2 1 0.9 1.2 16 0.01
KL24-06 351.8 354.9 0.0135 135 0.07 3.6 1930 810 25 23 5 1 1.1 2.3 14 0.01
KL24-06 354.9 358 0.0215 215 0.36 2 1120 590 37 29 7 3 1.3 6.6 29 0.01
KL24-06 358 360.6 0.0071 71 0.3 1.4 730 510 40 17 3 2 1 1.6 18 0.01
KL24-06 360.6 365 0.014 140 0.07 0.6 470 195 9 10 2 1 0.7 1.8 10 0.01
KL24-06 365 367.5 0.0176 176 0.06 0.5 305 56 45 20 0.01 1 2.3 3.0 11 0.01
KL24-06 367.5 370 0.0061 61 0.02 0.1 213 97 7 11 1 1 0.2 0.5 10 0.01
KL24-07 0 3 0.0056 56 0.02 0.1 67 28 6 1 0.01 1 0.3 2.3 23 0.01
KL24-07 3 4.5 0.004 40 0.01 0.1 40 24 3 2 0.01 1 0.3 0.8 20 0.01
KL24-07 4.5 8 0.003 30 0.01 0.1 39 23 5 1 0.01 1 0.01 1.1 21 0.01
KL24-07 8 11 0.0067 67 0.03 4 695 391 26 1 0.01 1 3.1 1.9 19 0.01
KL24-07 11 14 0.0018 18 0.01 0.1 45 37 9 1 0.01 1 0.8 1.7 33 0.01
KL24-07 14 16.5 0.0022 22 0.01 0.1 85 51 7 1 0.01 1 0.5 1.0 32 0.01
KL24-07 16.5 18 0.0019 19 0.01 0.1 53 78 9 1 0.01 1 0.01 0.0 41 0.01
KL24-07 18 21 0.0026 26 0.01 0.1 64 24 10 1 0.01 1 0.3 1.4 26 0.01
KL24-07 21 24 0.0024 24 0.01 0.1 38 20 12 1 0.01 1 0.3 1.1 27 0.01
KL24-07 24 27 0.0013 13 0.01 0.1 36 28 7 1 0.01 1 0.01 0.9 35 0.01
KL24-07 27 30 0.0012 12 0.01 0.1 30 34 5 1 0.01 1 0.3 1.2 36 0.01
KL24-07 30 33 0.0069 69 0.01 0.1 40 24 4 1 0.01 1 0.3 1.8 22 0.01
KL24-07 33 36 0.0024 24 0.01 0.1 40 24 2 1 0.01 1 0.01 1.2 24 0.01
KL24-07 36 39 0.0098 98 0.03 0.1 51 108 14 5 0.01 1 1.1 2.0 61 0.01
KL24-07 39 41.5 0.0174 174 0.01 0.1 54 24 8 5 0.01 1 0.9 0.7 73 0.01
KL24-07 41.5 43.5 0.0262 262 0.04 0.1 64 38 26 9 0.01 1 1.6 1.7 106 0.01
KL24-07 43.5 46.2 0.0116 116 0.01 0.1 24 30 15 5 0.01 2 0.9 2.1 90 0.01
KL24-07 46.2 48.55 0.0385 385 0.04 0.1 37 38 25 14 0.01 6 1.5 5.1 138 0.01
KL24-07 48.55 51 0.0314 314 0.1 11.5 1130 980 52 18 5 2 4.6 12.1 78 0.01
KL24-07 51 54 0.0048 48 0.13 4.6 161 317 11 9 1 1 2.4 2.8 14 0.01
KL24-07 54 56 0.0149 149 0.38 7.9 720 2780 56 26 37 1 5.6 31.0 30 0.01
KL24-07 56 57 0.0237 237 0.09 2.7 2100 3260 36 16 5 1 2.3 5.9 47 0.01
KL24-07 57 59.45 0.017 170 0.15 1.7 133 241 30 13 4 1 1.2 8.0 31 0.1
KL24-07 59.45 61.3 0.0096 96 0.13 1.8 184 225 43 8 5 1 2.8 4.6 40 0.01
KL24-07 61.3 64.3 0.012 120 0.15 1.1 80 101 34 42 4 1 2 2.5 42 0.01
KL24-07 64.3 67 0.0125 125 0.06 0.1 58 56 8 26 2 1 0.8 0.0 29 0.01
KL24-07 67 69 0.0103 103 0.16 0.1 51 31 15 8 2 1 1.4 0.8 23 0.01
KL24-07 69 71.5 0.0115 115 0.1 0.1 62 41 19 11 1 1 1.2 0.5 27 0.01
KL24-07 71.5 72.8 0.0134 134 0.06 0.1 60 75 19 10 1 1 1.3 1.2 30 0.01
KL24-07 72.8 75.5 0.0157 157 0.03 0.1 42 38 5 6 0.01 1 0.4 0.5 26 0.01
KL24-07 75.5 77.25 0.0063 63 0.06 0.1 86 43 12 8 0.01 1 1.3 1.1 11 0.01
KL24-07 77.25 78.75 0.0096 96 0.02 0.1 68 50 3 5 0.01 1 0.5 0.7 18 0.01
KL24-07 78.75 81 0.0138 138 0.07 0.1 57 30 4 9 0.01 1 0.5 5.0 31 0.01
KL24-07 81 84 0.0061 61 0.04 0.1 70 38 6 11 0.01 1 0.9 1.1 15 0.01
KL24-07 84 86.8 0.0069 69 0.02 0.1 48 27 4 10 0.01 1 0.9 0.0 13 0.01
KL24-07 86.8 89.9 0.0101 101 0.05 0.1 50 40 5 7 1 1 0.7 0.0 13 0.01
KL24-07 89.9 92.9 0.0078 78 0.08 0.1 105 160 16 8 0.01 1 1.6 0.8 9 0.01
KL24-07 92.9 93.9 0.011 110 0.06 0.1 114 184 16 9 0.01 1 2.2 0.7 11 0.01
KL24-07 93.9 96 0.0059 59 0.03 0.1 76 284 14 9 0.01 1 2.7 0.0 9 0.01
KL24-07 96 99 0.0025 25 0.06 0.7 67 187 15 14 0.01 1 2.5 0.0 33 0.01
KL24-07 99 100.75 0.0054 54 0.02 0.1 56 300 13 13 0.01 1 3.1 0.0 80 0.01
KL24-07 100.75 102 0.0022 22 0.05 0.1 51 164 4 7 0.01 1 1.5 0.0 30 0.01
KL24-07 102 105 0.0014 14 0.13 0.1 75 120 6 3 0.01 1 0.9 0.7 38 0.01
KL24-07 105 108 0.0021 21 0.11 0.1 50 70 5 3 0.01 1 0.7 1.2 26 0.01
KL24-07 108 111 0.0035 35 0.19 0.6 78 107 20 6 0.01 1 2 1.5 19 0.01



Appendix V - 89 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-07 111 113.4 0.051 510 0.66 65 7750 57500 170 16 2 1 55 10.5 134 0.23
KL24-07 113.4 115.3 0.0463 463 0.4 9.9 1000 2520 160 15 2 1 9.1 5.0 46 0.16
KL24-07 115.3 117.5 0.0032 32 0.07 3.1 420 1620 47 7 0.01 1 7.2 2.3 32 0.01
KL24-07 117.5 119.5 0.0024 24 0.1 2.1 131 251 36 8 0.01 1 4.1 0.5 37 0.01
KL24-07 119.5 121.2 0.006 60 0.04 4.2 2360 1040 9 5 1 1 3.7 2.7 27 0.13
KL24-07 121.2 123 0.0022 22 0.03 1.6 197 500 8 9 1 1 1 1.3 20 0.01
KL24-07 123 125.5 0.0013 13 0.02 0.6 40 71 5 4 0.01 1 0.5 1.0 17 0.01
KL24-07 125.5 127.8 0.0012 12 0.01 1.9 170 264 6 11 1 1 0.9 3.7 22 0.01
KL24-07 127.8 129 0.0009 9 0.02 0.1 40 100 4 5 0.01 1 0.4 0.0 21 0.01
KL24-07 129 132 0.0027 27 0.05 3.2 126 640 7 6 5 1 1.2 2.5 24 0.01
KL24-07 132 135 0.0106 106 0.02 4.3 53 1310 27 5 4 1 3.2 4.0 24 0.01
KL24-07 135 138 0.0024 24 0.02 1.5 24 210 6 6 2 4 0.3 4.7 23 0.01
KL24-07 138 141 0.063 630 0.09 20 600 2810 220 10 11 5 16.6 6.2 24 0.01
KL24-07 141 143.8 0.0155 155 0.14 4.8 3700 3010 33 13 6 7 2.1 4.7 28 0.01
KL24-07 143.8 147 0.0035 35 0.04 1.2 310 450 8 4 1 2 0.4 5.5 27 0.01
KL24-07 147 150 0.3 3000 0.57 33 76100 81700 450 30 1 8 24 8.0 28 0.27
KL24-07 150 153 0.0278 278 0.13 5 650 640 93 15 2 11 5.7 3.5 17 0.01
KL24-07 153 160 0.0067 67 0.09 3.8 378 1300 22 18 1 1 3.3 1.2 17 0.01
KL24-07 160 167 0.0103 103 0.03 4.6 670 3380 15 9 0.01 1 4.6 2.0 18 0.01
KL24-07 167 169 0.0037 37 0.04 1.1 225 600 9 10 0.01 1 1.1 3.0 17 0.01
KL24-07 171 173.5 0.0024 24 0.05 0.9 91 410 3 5 0.01 1 0.8 0.9 16 0.01
KL24-07 173.5 175 0.0032 32 0.05 2.3 162 1130 7 7 0.01 1 2 2.0 16 0.01
KL24-07 175 177 0.003 30 0.01 0.8 57 260 5 6 0.01 1 0.6 1.2 17 0.01
KL24-07 177 183 0.0038 38 0.09 3 201 600 29 8 1 1 1.4 3.8 16 0.01
KL24-07 183 185.6 0.0047 47 0.07 8.2 530 2550 66 15 2 1 3.4 2.5 14 0.01
KL24-07 185.6 186 0.0035 35 0.01 1.5 100 350 8 10 0.01 1 0.8 1.7 14 0.01
KL24-07 186 189 0.0036 36 0.17 5.8 333 339 34 11 1 1 2.5 1.3 22 0.1
KL24-07 189 207 0.0068 68 0.11 6.6 430 480 72 51 2 1 2.6 1.7 28 0.01
KL24-07 207 212 0.0115 115 0.08 4.9 207 280 35 11 1 1 2.3 2.0 18 0.01
KL24-07 212 213.7 0.0021 21 0.05 1.2 40 45 6 9 0.01 1 0.8 1.7 16 0.01
KL24-07 213.7 216 0.0027 27 0.06 4.1 830 825 17 8 0.01 1 2.3 1.2 17 0.01
KL24-07 216 219 0.0027 27 0.03 2 330 540 13 3 0.01 1 2 2.3 18 0.01
KL24-07 219 221.8 0.009 90 0.05 3.3 294 400 22 11 0.01 1 2.3 1.5 20 0.01
KL24-07 221.8 223.5 0.0025 25 0.02 2 231 304 13 6 0.01 1 1 4.7 18 0.01
KL24-07 223.5 226.7 0.0427 427 0.15 8.1 1400 2660 91 28 4 1 7 6.1 25 0.34
KL24-07 226.7 228 0.0321 321 0.41 7.1 620 1320 120 221 3 4 6 8.2 76 0.6
KL24-07 228 231 0.0035 35 0.07 1.8 116 157 36 11 0.01 3 1.8 3.0 31 0.01
KL24-07 231 234 0.0111 111 0.08 7.6 2200 2780 23 8 0.01 1 4.3 3.7 21 0.51
KL24-07 234 237 0.0308 308 0.06 18.4 4900 5400 63 13 1 1 13.5 6.5 21 0.32
KL24-07 237 240 0.099 990 0.15 5.1 4100 1760 37 79 11 1 2 7.9 36 0.14
KL24-07 240 243 0.053 530 0.13 31 31700 19400 110 22 2 1 26 14.0 25 0.9
KL24-07 243 246 0.0121 121 0.05 7 8700 4800 7 26 1 1 4.2 4.5 24 0.44
KL24-07 246 249 0.179 1790 0.24 7.8 8400 3400 62 155 19 5 3.4 12.5 45 0.25
KL24-07 249 251 0.0224 224 0.06 7.9 10600 7000 33 17 1 1 7.2 9.5 20 0.36
KL24-07 251 252 0.0081 81 0.03 2 1570 1600 14 8 1 1 1.9 4.8 16 0.1
KL24-07 252 254.5 0.0082 82 0.03 2.1 1040 1220 22 10 2 1 1.7 9.3 26 0.01
KL24-07 254.5 256.5 0.0063 63 0.03 1.3 1070 1060 13 8 0.01 1 1.2 5.8 18 0.11
KL24-07 256.5 258.3 0.078 780 0.17 140 36200 31000 40 17 290 10 4.3 57.0 31 0.96
KL24-07 258.3 261 0.94 9400 1.03 121 139000 48500 2560 270 196 48 126 130.0 170 3.07
KL24-07 261 264 0.23 2300 0.48 117 41300 85500 72 900 258 9 13.5 175.0 100 1.15
KL24-07 264 267 0.49 4900 0.55 98 74600 49700 210 1275 263 21 26 78.0 166 1.71
KL24-07 267 270 0.161 1610 0.33 10 760 1800 130 906 18 5 3.3 10.4 96 0.15
KL24-07 270 273 0.69 6900 0.59 47 45200 5800 190 5250 127 28 2.1 33.2 75 0.91
KL24-07 273 276 0.95 9500 0.79 35.3 4500 1070 210 76 35 24 2 79.0 122 0.01
KL24-07 276 278 0.79 7900 0.83 33.3 2700 960 220 927 35 20 2.8 159.0 148 0.2
KL24-07 278 280 0.401 4010 0.27 20 810 285 70 895 35 23 1.9 67.0 72 0.01
KL24-07 280 282 0.436 4360 0.35 15.8 4300 7400 120 174 24 10 6.1 70.0 43 0.17
KL24-07 282 285 0.233 2330 0.28 12.3 1400 3510 83 239 25 7 3.4 40.0 40 0.21
KL24-07 285 288 0.76 7600 0.57 16.3 1340 1070 74 120 11 11 1.8 53.5 77 0.17
KL24-07 288 291 2.67 26700 1.32 90 8900 5800 310 1475 176 13 4.2 110.0 152 0.41
KL24-07 291 294 0.49 4900 0.61 136 59900 63500 220 1100 288 11 8.3 429.0 141 0.22
KL24-07 294 297 0.89 8900 0.95 77 10900 18300 400 446 125 12 6.1 199.0 160 0.14
KL24-07 297 300 1.62 16200 1.13 70 14000 8700 350 990 106 34 5.8 110.0 143 0.27



Appendix V - 90 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-07 300 303 1.35 13500 0.79 72 28300 6400 270 825 154 49 5.2 125.0 104 0.01
KL24-07 303 304 1.61 16100 1.37 36 31900 2700 250 98 63 57 5.5 113.0 105 0.01
KL24-07 304 306.4 0.344 3440 0.33 11.1 3400 2160 110 200 26 13 4.5 38.0 45 0.1
KL24-07 306.4 308.8 0.4 4000 0.3 15 15900 11200 160 50 30 24 8.3 28.3 40 0.01
KL24-07 308.8 311.9 0.0121 121 0.06 2 910 1020 16 20 2 1 1.2 3.3 24 0.18
KL24-07 311.9 315 0.066 660 0.24 5.7 7300 1000 100 179 19 6 2.9 22.0 52 0.01
KL24-07 315 318 0.092 920 0.22 5.5 6500 1240 79 96 21 7 3.7 19.9 34 0.01
KL24-07 318 321 0.061 610 0.11 2.9 4100 460 50 145 11 8 2.3 11.3 34 0.01
KL24-07 321 323 0.195 1950 0.23 3.3 2800 430 57 111 11 9 1.7 11.4 27 0.01
KL24-07 323 325 0.07 700 0.19 2.1 1970 480 50 150 6 5 2.8 6.3 31 0.01
KL24-07 325 327 0.068 680 0.47 7.8 2600 1730 83 49 8 2 5 8.7 35 0.01
KL24-07 327 330 0.119 1190 0.17 8.6 4500 1970 90 45 6 7 5 18.4 36 0.01
KL24-07 330 333 0.086 860 0.16 3.2 1740 610 40 83 5 4 2.1 7.5 28 0.01
KL24-07 333 336 0.14 1400 0.29 16.3 1510 1370 44 29 59 6 1.9 12.2 28 0.01
KL24-07 336 339 0.69 6900 0.35 11.2 2300 1170 110 76 34 16 6 13.7 37 0.01
KL24-07 339 341.7 0.364 3640 0.16 4.2 2100 760 180 52 7 8 12.5 8.0 28 0.01
KL24-07 341.7 345 0.0274 274 0.09 2.3 1030 950 35 20 7 1 2.5 4.5 25 0.01
KL24-07 345 348 0.042 420 0.05 0.8 222 75 14 20 1 1 1 2.0 20 0.01
KL24-07 348 349.6 0.0381 381 0.04 1.2 377 179 14 28 3 1 1.1 3.7 21 0.01
KL24-08 0 3 0.0222 222 0.03 0.1 130 78 17 73 0.01 1 1.1 2.7 24 0.01
KL24-08 3 6 0.0049 49 0.01 0.5 300 157 12 3 0.01 1 1.2 2.5 24 0.01
KL24-08 6 9 0.002 20 0.01 0.1 43 24 6 3 0.01 1 0.4 2.3 23 0.01
KL24-08 9 12 0.0015 15 0.01 0.1 34 18 1 3 0.01 1 0.4 2.5 23 0.01
KL24-08 12 15 0.0027 27 0.01 0.1 42 18 4 1 0.01 1 0.4 1.8 25 0.01
KL24-08 15 18 0.0018 18 0.04 0.1 74 28 17 3 0.01 1 1.2 2.8 24 0.01
KL24-08 18 21 0.001 10 0.02 0.1 38 43 10 1 0.01 1 0.9 3.0 25 0.01
KL24-08 21 24 0.0021 21 0.01 0.1 43 27 4 2 0.01 1 0.6 2.5 36 0.01
KL24-08 24 27 0.0013 13 0.01 0.1 54 67 12 1 0.01 1 0.8 1.5 32 0.01
KL24-08 27 29.5 0.0017 17 0.02 0.1 45 51 14 1 0.01 1 1 2.0 33 0.01
KL24-08 29.5 32.6 0.0009 9 0.04 0.1 77 24 36 1 0.01 1 0.8 2.3 31 0.01
KL24-08 32.6 35.7 0.0011 11 0.02 0.1 80 46 33 1 0.01 1 0.9 2.3 26 0.01
KL24-08 35.7 39 0.0011 11 0.03 0.1 75 70 19 1 0.01 1 1.2 2.2 34 0.01
KL24-08 39 42 0.0008 8 0.01 0.1 27 29 9 1 0.01 1 0.8 2.5 36 0.01
KL24-08 42 45 0.0011 11 0.01 0.1 440 126 17 1 0.01 1 2.1 3.0 34 0.01
KL24-08 45 48.25 0.001 10 0.01 0.1 36 18 17 1 0.01 1 0.6 1.5 28 0.01
KL24-08 48.25 51 0.0014 14 0.01 0.1 21 24 9 1 0.01 1 0.7 1.8 25 0.01
KL24-08 51 54 0.0011 11 0.01 0.1 27 21 4 1 0.01 1 0.6 2.3 25 0.01
KL24-08 54 56.9 0.0025 25 0.01 0.6 40 184 7 1 0.01 1 0.8 4.0 27 0.01
KL24-08 56.9 60 0.0041 41 0.01 0.8 57 184 8 1 0.01 1 1.3 4.2 48 0.01
KL24-08 60 62.9 0.0036 36 0.01 0.7 54 61 11 1 0.01 1 1 3.2 43 0.01
KL24-08 62.9 66 0.0015 15 0.04 1.4 181 372 24 1 0.01 1 1.7 3.0 124 0.01
KL24-08 66 68.5 0.021 210 0.01 1.6 360 500 20 9 0.01 1 1.2 2.8 130 0.01
KL24-08 68.5 71.75 0.395 3950 0.14 1.3 367 26 5 2 2 17 0.01 1.9 20 0.01
KL24-08 71.75 74.1 0.0023 23 0.05 2.4 107 186 42 11 2 6 2 10.8 96 0.01
KL24-08 74.1 77.2 0.0046 46 0.09 5.5 510 570 28 69 5 1 2.3 10.8 63 0.01
KL24-08 77.2 80.45 0.0029 29 0.18 9.1 1210 1830 21 9 2 1 8.3 6.7 31 0.01
KL24-08 80.45 83 0.0193 193 5.21 25.4 9000 7700 340 105 6 7 28 50.0 208 0.26
KL24-08 83 86.7 0.0175 175 3.27 13.9 2900 1890 270 35 2 4 19.4 29.4 209 0.21
KL24-08 86.7 89.7 0.0024 24 0.16 2.3 101 178 25 6 4 1 1.3 4.8 314 0.01
KL24-08 89.7 91.1 0.0028 28 0.26 1.4 171 151 31 6 1 1 1.6 4.0 268 0.01
KL24-08 91.1 93 0.0154 154 0.49 12 3100 3400 270 8 16 1 9.8 13.5 52 0.11
KL24-08 93 95 0.0096 96 0.3 4 420 730 140 5 2 1 8.7 3.0 60 0.01
KL24-08 95 98 0.0074 74 0.35 12 1130 8800 220 14 10 1 15.8 7.4 262 0.01
KL24-08 98 101 0.0023 23 0.05 1 149 175 19 22 0.01 1 2.6 0.7 92 0.01
KL24-08 101 104 0.0014 14 0.11 1.3 66 117 16 8 0.01 1 2 0.5 226 0.01
KL24-08 104 106.5 0.0015 15 0.04 1 45 60 9 5 1 1 0.9 1.8 249 0.01
KL24-08 106.5 109.3 0.0015 15 0.04 1 70 61 14 4 0.01 1 1.8 1.5 181 0.01
KL24-08 109.3 111 0.002 20 0.07 1.4 90 156 38 5 0.01 1 2.6 1.8 293 0.01
KL24-08 111 113.6 0.0013 13 0.08 0.1 47 57 20 7 0.01 1 1.2 0.0 227 0.01
KL24-08 113.6 121.5 0.002 20 0.02 1.5 258 1590 17 6 0.01 1 4.4 1.0 214 0.01
KL24-08 121.5 124.8 0.0022 22 0.03 1.8 281 1900 15 4 0.01 1 5.4 2.2 130 0.01
KL24-08 124.8 126 0.002 20 0.01 0.7 120 286 5 6 0.01 1 2.6 0.0 93 0.01
KL24-08 126 129 0.0026 26 0.05 0.8 261 600 19 4 0.01 1 3.1 0.0 50 0.01



Appendix V - 91 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-08 129 132 0.0032 32 0.01 0.1 45 144 5 6 0.01 1 1.7 0.0 13 0.01
KL24-08 132 134.5 0.0043 43 0.01 0.1 67 230 7 12 0.01 1 3.1 0.0 11 0.01
KL24-08 134.5 136.7 0.0036 36 0.01 0.1 77 135 8 4 0.01 1 3.7 0.0 79 0.01
KL24-08 136.7 138.55 0.0049 49 0.02 0.1 80 160 7 6 0.01 1 2.6 2.0 80 0.01
KL24-08 138.55 141 0.0031 31 0.01 0.1 57 267 10 8 0.01 1 2.5 0.0 36 0.01
KL24-08 141 144 0.0035 35 0.01 1.8 127 710 10 12 0.01 1 4.2 1.3 47 0.01
KL24-08 144 147 0.0013 13 0.01 0.8 52 84 9 13 0.01 1 1.4 0.5 80 0.01
KL24-08 147 150 0.0017 17 0.01 0.1 30 58 8 8 0.01 1 2 0.0 96 0.01
KL24-08 150 153 0.0011 11 0.01 0.1 26 30 6 5 0.01 1 0.3 0.5 50 0.01
KL24-08 153 156 0.0013 13 0.01 0.1 18 14 5 4 0.01 1 0.3 0.8 64 0.01
KL24-08 156 159.2 0.0014 14 0.03 0.1 31 18 3 2 0.01 1 0.2 0.0 34 0.01
KL24-08 159.2 165 0.0017 17 0.33 0.7 39 62 13 5 0.01 1 0.7 2.0 38 0.01
KL24-08 165 171 0.0023 23 0.07 0.6 50 287 7 3 0.01 1 1.2 0.8 36 0.01
KL24-08 171 174 0.0021 21 0.08 1.2 207 820 16 6 0.01 1 1.8 1.8 15 0.01
KL24-08 174 178.3 0.0025 25 0.29 3.5 840 1810 33 10 0.01 1 4.1 5.0 18 0.01
KL24-08 178.3 183 0.005 50 0.13 3.4 1480 2350 22 10 1 1 3.5 4.3 13 0.01
KL24-08 183 186 0.01 100 0.24 11.6 214 6400 70 15 2 6 10.7 9.2 26 0.01
KL24-08 186 201 0.0028 28 0.12 3 410 1190 16 6 3 1 0.8 5.5 20 0.01
KL24-08 201 205 0.0048 48 0.07 3.2 480 2100 36 46 0.01 1 3.2 4.0 22 0.01
KL24-08 205 210 0.0067 67 0.05 1.7 137 1280 92 90 1 1 3.1 3.8 34 0.01
KL24-08 210 218 0.154 1540 0.61 64 28600 33400 820 9 4 11 56 47.5 50 0.55
KL24-08 218 222 0.0071 71 0.09 3.3 194 281 90 4 0.01 13 1.4 4.0 30 0.01
KL24-08 222 225.4 0.17 1700 0.34 170 18800 214000 380 9 12 7 242 26.3 32 0.42
KL24-08 225.4 228.3 0.0033 33 0.36 5.6 370 1170 68 10 4 14 4.3 7.8 40 0.1
KL24-08 228.3 232.1 0.0064 64 0.22 3.9 580 1370 62 7 2 16 6.3 16.0 48 0.01
KL24-08 232.1 236 0.0049 49 0.2 7.3 204 9000 66 13 4 12 9.2 12.3 40 0.01
KL24-08 236 239 0.0102 102 0.55 67 830 27100 200 150 129 29 9.6 102.0 52 0.16
KL24-08 239 242 0.064 640 0.79 85 3600 58600 270 238 108 28 13.8 396.0 61 0.11
KL24-08 242 243 0.118 1180 0.68 166 24600 274000 630 17 135 17 62 226.0 97 0.43
KL24-08 243 246 0.09 900 0.22 42 39400 60700 86 16 10 7 28 57.8 23 0.3
KL24-08 246 249 0.0352 352 0.08 19.5 2600 14900 81 23 12 1 18 7.0 24 0.12
KL24-08 249 251 0.01 100 0.15 21 1390 6600 47 113 32 3 2.7 9.5 30 0.12
KL24-08 251 254 0.0085 85 0.1 13.1 3500 7500 29 68 12 1 6 6.5 27 0.21
KL24-08 254 257.1 0.0425 425 0.21 30.5 18000 30400 92 89 12 3 19.3 15.3 43 0.54
KL24-08 257.1 260.2 0.0045 45 0.1 5.5 1490 2630 30 30 5 1 1.7 5.0 23 0.28
KL24-08 260.2 263.3 0.007 70 0.06 4 1520 1990 23 11 2 1 1.1 8.4 27 0.25
KL24-08 263.3 266 0.0046 46 0.09 3.9 1030 1800 25 15 2 1 0.9 7.5 18 0.38
KL24-08 266 269 0.0091 91 0.12 3.6 1630 2430 23 47 2 1 1.8 8.3 16 0.27
KL24-08 269 272.2 0.0099 99 0.14 3.7 1100 3250 33 15 1 1 1.5 11.3 42 0.41
KL24-08 272.2 275.3 0.0049 49 0.09 3.6 1400 1450 16 12 2 1 1.2 9.0 26 0.4
KL24-08 275.3 278.3 0.0203 203 0.08 9.8 1800 5700 39 41 9 1 2.3 23.0 33 0.23
KL24-08 278.3 281.3 0.022 220 0.1 11.2 3900 5500 60 146 4 1 5.6 30.5 37 0.39
KL24-08 281.3 284.3 0.0357 357 0.08 18.7 10300 14900 49 33 3 1 7.8 56.3 24 0.42
KL24-08 284.3 287.4 0.008 80 0.04 4.2 2400 3000 17 11 1 1 1.1 38.5 18 0.12
KL24-08 287.4 290.5 0.0207 207 0.1 12.4 11400 12500 58 61 2 1 5.3 42.3 37 0.3
KL24-08 290.5 293.6 0.138 1380 0.12 31 17000 19900 180 25 5 1 10 50.0 48 0.46
KL24-08 293.6 296.7 0.0435 435 0.1 27.3 18300 22500 61 11 4 1 9.5 42.5 32 0.41
KL24-08 296.7 299.8 0.0104 104 0.05 7.2 3800 4600 28 18 2 1 1.6 18.0 31 0.14
KL24-08 299.8 302.9 0.0098 98 0.05 8.9 4100 5000 22 30 3 1 3.5 20.3 28 0.12
KL24-08 302.9 306 0.0169 169 0.05 12.9 8600 6500 34 46 5 1 4.6 19.8 24 0.16
KL24-08 306 308.5 0.124 1240 0.11 33 40400 31900 60 72 4 1 18.5 85.0 32 0.1
KL24-08 308.5 311.5 0.28 2800 0.19 34 21300 22900 260 78 25 3 9.1 72.5 82 0.01
KL24-08 311.5 314 0.31 3100 0.12 28.4 13900 19900 170 74 2 4 6.2 95.0 36 0.01
KL24-08 314 317.5 0.082 820 0.18 33.2 41600 19700 72 41 76 18 4 180.0 35 0.01
KL24-08 317.5 320.75 0.0121 121 0.07 4.6 2300 2600 35 67 6 1 1.3 40.0 23 0.01
KL24-08 320.75 323.6 0.149 1490 0.13 8.2 20600 2500 210 208 160 16 6.2 67.5 76 0.01
KL24-08 323.6 326.6 0.36 3600 0.19 5.4 9300 910 220 1057 68 10 7.8 45.0 92 0.01
KL24-08 326.6 329.6 0.176 1760 0.23 12.3 18100 890 210 1020 96 11 5.3 49.0 116 0.01
KL24-08 329.6 332.7 0.41 4100 0.43 41 112000 14300 220 228 160 82 7 205.0 246 0.01
KL24-08 332.7 335.7 0.31 3100 0.57 91 50900 21500 210 393 210 33 5.2 260.0 215 0.01
KL24-08 335.7 338.7 0.3 3000 0.49 54 47500 23700 290 188 120 24 19.7 220.0 194 0.01
KL24-08 338.7 341.8 0.075 750 0.2 10.1 10700 4300 85 48 14 7 3.6 36.5 72 0.01
KL24-08 341.8 344.8 0.063 630 0.15 6.7 4200 2200 67 28 5 4 5.8 11.0 32 0.11



Appendix V - 92 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-08 344.8 347.9 0.054 540 0.13 7.4 3000 2500 63 40 7 4 3.9 17.3 38 0.11
KL24-08 347.9 349.4 0.086 860 0.14 6.6 2300 1810 45 26 8 4 2.3 16.5 34 0.01
KL24-08 349.4 350.9 0.101 1010 0.08 3.3 870 550 30 15 2 4 1.5 7.5 22 0.01
KL24-08 350.9 353.9 0.057 570 0.05 4 1450 720 12 28 13 2 0.7 11.3 20 0.01
KL24-08 353.9 357 0.066 660 0.13 9.4 5800 9600 63 27 8 3 7.1 18.3 26 0.01
KL24-08 357 360 0.0323 323 0.11 21.3 16000 28100 24 26 8 1 24 210.0 21 0.01
KL24-08 360 363 0.0089 89 0.02 4.1 990 1630 9 7 2 1 3.6 10.3 20 0.01
KL24-08 363 366 0.0086 86 0.04 42 14300 15000 6 7 2 1 51 7.0 20 0.01
KL24-08 366 369 0.008 80 0.03 30.2 10400 10300 13 13 1 1 30 3.5 17 0.01
KL24-08 369 372 0.0083 83 0.03 13.2 3300 3700 7 23 2 1 10.7 4.5 20 0.01
KL24-08 372 375 0.0198 198 0.05 11.2 2700 2700 34 23 5 1 6.7 4.8 21 0.01
KL24-08 375 378 0.0212 212 0.05 4.9 1900 1530 40 17 4 2 3 4.8 21 0.01
KL24-08 378 381 0.0236 236 0.07 11.8 10000 15000 17 17 7 1 13.2 100.0 19 0.01
KL24-08 381 384 0.0138 138 0.09 2.8 910 700 34 19 3 1 2.8 2.5 20 0.01
KL24-08 384 388 0.0132 132 0.1 2.4 630 580 24 24 2 1 2.2 2.0 21 0.01
KL24-09 0 3 0.0031 31 0.01 0.1 70 50 8 2 0.01 1 0.4 0.8 22 0.01
KL24-09 3 6 0.0035 35 0.01 0.1 87 40 9 3 0.01 1 1.1 1.1 19 0.01
KL24-09 6 9 0.0043 43 0.01 0.1 31 28 4 9 0.01 1 1.5 0.0 24 0.01
KL24-09 9 12 0.0035 35 0.01 0.1 31 20 5 3 0.01 1 0.4 1.1 17 0.01
KL24-09 12 15 0.003 30 0.01 0.1 40 20 4 2 0.01 1 0.4 0.9 20 0.01
KL24-09 15 18 0.0051 51 0.04 7.7 140 58 11 2 0.01 1 2.4 2.8 30 0.01
KL24-09 18 21 0.0037 37 0.06 0.6 168 65 18 3 0.01 1 1.4 2.1 34 0.01
KL24-09 21 24 0.0029 29 0.03 0.1 450 121 11 3 0.01 1 0.9 1.9 27 0.01
KL24-09 24 27 0.0045 45 0.01 0.1 500 89 6 1 0.01 1 0.5 1.0 19 0.01
KL24-09 27 30 0.0038 38 0.02 0.1 113 37 11 3 0.01 1 1.1 0.8 20 0.01
KL24-09 30 33 0.0045 45 0.03 0.1 77 37 12 4 0.01 1 1 1.2 25 0.01
KL24-09 33 36.6 0.0061 61 0.11 14.3 248 89 23 3 0.01 1 4.5 5.5 35 0.01
KL24-09 36.6 38.7 0.004 40 0.09 1.3 180 80 16 4 0.01 1 1.4 2.8 40 0.01
KL24-09 38.7 41.8 0.0034 34 0.03 0.1 91 43 12 5 0.01 1 1.7 1.3 35 0.01
KL24-09 41.8 44.8 0.0042 42 0.01 0.1 115 45 11 5 0.01 1 1.4 1.4 32 0.01
KL24-09 44.8 47.8 0.0039 39 0.03 0.7 760 374 15 6 0.01 3 1.9 1.2 27 0.01
KL24-09 47.8 50.8 0.0048 48 0.01 0.1 286 172 7 4 0.01 2 0.7 1.1 34 0.01
KL24-09 50.8 54 0.0025 25 0.01 0.1 198 137 17 5 0.01 3 0.9 1.4 46 0.01
KL24-09 54 57 0.003 30 0.01 0.1 23 21 12 3 0.01 1 0.6 1.5 32 0.01
KL24-09 57 60 0.0056 56 0.01 0.1 36 40 11 3 0.01 1 0.9 1.1 39 0.01
KL24-09 60 65.4 0.002 20 0.01 0.1 33 32 11 2 0.01 1 0.8 1.2 26 0.01
KL24-09 65.4 69 0.0034 34 0.01 0.1 23 21 15 2 0.01 1 0.5 1.1 30 0.01
KL24-09 69 72 0.002 20 0.01 0.1 33 17 7 2 0.01 1 0.3 0.9 30 0.01
KL24-09 72 75 0.0034 34 0.01 0.1 25 14 4 2 0.01 1 0.2 1.4 21 0.01
KL24-09 75 78 0.004 40 0.01 0.1 26 20 5 2 0.01 1 0.7 1.1 25 0.01
KL24-09 78 81 0.0028 28 0.01 0.1 35 17 4 2 0.01 1 0.2 1.0 26 0.01
KL24-09 81 83.1 0.006 60 0.01 0.1 74 46 3 4 0.01 1 0.5 0.9 46 0.01
KL24-09 83.1 86 0.0024 24 0.01 0.1 29 17 4 2 0.01 1 0.01 1.9 25 0.01
KL24-09 86 88.5 0.0043 43 0.01 0.1 28 20 3 2 0.01 1 0.01 2.7 21 0.01
KL24-09 88.5 91 0.0052 52 0.01 0.1 30 20 4 3 0.01 1 0.01 1.8 23 0.01
KL24-09 91 93 0.0018 18 0.01 0.1 31 14 3 1 0.01 1 0.01 1.9 18 0.01
KL24-09 93 94.5 0.0018 18 0.01 0.1 38 12 2 1 0.01 1 0.2 2.0 17 0.01
KL24-09 94.5 97.5 0.005 50 0.01 0.1 36 16 1 2 0.01 1 0.01 2.7 23 0.01
KL24-09 97.5 99 0.004 40 0.01 0.1 23 13 3 2 0.01 1 0.01 0.7 18 0.01
KL24-09 99 102 0.0064 64 0.01 0.1 33 17 6 3 0.01 1 0.6 0.8 19 0.01
KL24-09 102 105 0.0062 62 0.03 0.1 30 19 8 1 0.01 1 0.5 0.9 25 0.01
KL24-09 105 106.65 0.0045 45 0.03 2.6 337 620 10 3 0.01 1 2.3 3.1 21 0.01
KL24-09 106.65 108 0.0057 57 0.04 2.2 257 530 11 4 2 1 1.6 3.8 25 0.01
KL24-09 108 111 0.0036 36 0.01 0.1 77 90 7 1 0.01 1 1 3.4 26 0.01
KL24-09 111 113.5 0.0052 52 0.01 0.7 67 285 8 2 0.01 1 1.6 5.1 45 0.01
KL24-09 113.5 116.6 0.0083 83 0.01 0.1 48 215 6 2 0.01 1 1.2 2.9 38 0.01
KL24-09 116.6 117.65 0.005 50 0.01 0.1 55 139 5 2 0.01 1 1.4 5.1 25 0.01
KL24-09 117.65 119.3 0.0027 27 0.01 1.1 111 59 24 2 0.01 7 0.9 1.3 75 0.01
KL24-09 119.3 123 0.0027 27 0.01 0.1 65 125 10 1 0.01 1 0.6 1.2 44 0.01
KL24-09 123 126.4 0.004 40 0.01 0.1 55 104 15 1 0.01 2 1.4 0.8 56 0.01
KL24-09 126.4 128.4 0.0044 44 1.07 16.7 3550 1900 100 16 17 1 8 13.6 381 0.01
KL24-09 128.4 132 0.001 10 0.04 0.1 65 54 39 1 0.01 7 1.4 1.0 92 0.01
KL24-09 132 134.4 0.0018 18 0.25 1.2 70 171 48 4 0.01 6 2.3 2.8 81 0.01



Appendix V - 93 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-09 134.4 138 0.007 70 0.17 5.9 540 1200 19 7 7 1 1.8 4.0 14 0.01
KL24-09 138 141 0.0101 101 0.17 6.5 550 1170 25 5 7 1 1.9 4.0 18 0.01
KL24-09 141 144 0.0026 26 0.19 4.3 410 930 17 41 2 1 1.1 2.9 15 0.01
KL24-09 144 147 0.0048 48 0.05 5.1 810 1530 9 8 1 1 2.3 2.6 15 0.01
KL24-09 147 149.6 0.0141 141 0.1 3.6 930 1150 16 21 4 1 1.9 2.9 17 0.01
KL24-09 149.6 152.7 0.0048 48 0.38 10.3 2550 3700 31 6 6 1 8.9 4.0 144 0.1
KL24-09 152.7 155 0.0042 42 0.32 8.6 1870 2050 27 8 3 1 6.6 5.3 298 0.01
KL24-09 155 157.3 0.0014 14 0.02 0.1 63 48 18 3 0.01 4 1.3 1.5 140 0.01
KL24-09 157.3 160.5 0.0018 18 0.33 0.9 145 104 22 1 0.01 1 3.2 0.8 30 0.01
KL24-09 160.5 164 0.001 10 0.41 1.3 68 102 21 4 0.01 1 3.5 1.0 48 0.01
KL24-09 164 166 0.0017 17 0.68 2.4 61 127 28 14 0.01 1 2.4 0.8 113 0.01
KL24-09 166 169 0.0019 19 0.35 3.4 69 150 47 18 0.01 1 2.1 1.9 70 0.01
KL24-09 169 172 0.0021 21 0.94 4.8 145 104 36 15 0.01 1 7 1.5 308 0.1
KL24-09 172 175.5 0.0021 21 0.35 5.1 84 108 42 22 0.01 1 2.9 1.2 206 0.01
KL24-09 175.5 178.3 0.005 50 0.09 1.4 38 42 11 6 0.01 1 2 0.8 24 0.01
KL24-09 178.3 181.2 0.0023 23 0.09 3 183 187 14 7 0.01 1 1.9 0.7 200 0.01
KL24-09 181.2 184.4 0.0017 17 0.1 3.1 106 264 22 6 0.01 1 1.7 1.6 307 0.01
KL24-09 184.4 188 0.0027 27 0.07 1.1 45 79 20 7 0.01 1 1.6 1.1 199 0.01
KL24-09 188 191 0.0034 34 0.05 1.2 64 100 26 7 0.01 1 1.1 0.7 320 0.01
KL24-09 191 195 0.0031 31 0.04 0.8 55 32 10 5 0.01 1 0.3 0.0 238 0.01
KL24-09 195 201 0.0026 26 0.06 2.9 113 121 16 5 0.01 1 2.3 1.0 232 0.01
KL24-09 201 204 0.004 40 0.08 5.7 740 1540 14 7 5 1 3.7 2.1 127 0.01
KL24-09 204 207 0.002 20 0.04 2.8 188 750 35 6 0.01 1 2.8 3.2 165 0.01
KL24-09 207 209.2 0.0024 24 0.02 2.3 240 450 28 5 0.01 1 3 1.8 320 0.01
KL24-09 209.2 211.7 0.0044 44 0.02 0.9 108 107 8 5 0.01 1 0.2 0.8 255 0.01
KL24-09 211.7 214 0.0161 161 0.03 2.9 650 351 29 10 0.01 1 2 2.3 38 0.01
KL24-09 214 216 0.0073 73 0.01 0.1 2500 42 7 4 0.01 3 0.6 0.6 191 0.01
KL24-09 216 219 0.0033 33 0.02 0.1 78 21 2 6 0.01 1 0.2 0.0 229 0.01
KL24-09 219 222 0.0076 76 0.01 0.1 41 29 0.01 4 0.01 1 0.01 0.6 163 0.01
KL24-09 222 225 0.0084 84 0.04 29 1470 1890 28 7 65 1 4.3 9.3 185 0.1
KL24-09 225 228 0.0013 13 0.06 1 23 34 4 4 0.01 1 0.2 0.0 185 0.01
KL24-09 228 231 0.0016 16 0.04 1.4 11 10 3 5 0.01 1 0.6 0.5 173 0.01
KL24-09 231 234 0.0015 15 0.1 2.4 18 11 4 7 0.01 1 0.2 0.5 168 0.01
KL24-09 234 237 0.0015 15 0.13 7.8 57 145 29 4 0.01 1 7.5 0.7 197 0.01
KL24-09 237 240 0.0012 12 0.11 3.6 120 73 19 6 0.01 1 5.4 0.0 109 0.1
KL24-09 240 243 0.0175 175 0.06 1.7 26 20 8 13 0.01 1 0.6 0.7 99 0.01
KL24-09 243 246 0.002 20 0.09 2.2 29 27 14 16 0.01 1 0.9 0.9 222 0.01
KL24-09 246 249 0.0017 17 0.11 1.3 35 24 12 8 0.01 1 1 0.6 161 0.01
KL24-09 249 251.5 0.0056 56 0.09 1 294 100 22 18 0.01 1 2.3 1.4 144 0.01
KL24-09 251.5 254.6 0.0154 154 0.11 4.3 285 720 32 9 0.01 1 6.8 6.7 28 0.01
KL24-09 254.6 258 0.002 20 0.08 2.4 130 170 21 10 1 1 3.1 2.7 212 0.01
KL24-09 258 260.1 0.0034 34 0.18 2 95 178 29 6 1 1 3.8 2.9 104 0.01
KL24-09 260.1 262.5 0.0057 57 0.41 6.1 124 440 36 10 2 1 7.7 5.7 26 0.01
KL24-09 262.5 264 0.0044 44 0.5 4.3 125 193 37 6 2 1 7.6 3.1 30 0.1
KL24-09 264 267 0.0045 45 0.25 6.5 363 980 69 13 7 1 4.5 6.6 37 0.01
KL24-09 267 273 0.0101 101 0.25 6.1 172 600 41 34 6 1 3.7 3.7 78 0.1
KL24-09 273 276 0.201 2010 0.86 61 20900 8060 360 128 58 15 36 15.3 40 0.18
KL24-09 276 280.2 0.0052 52 0.16 1.9 149 81 18 15 2 1 2.9 3.5 24 0.01
KL24-09 280.2 283.5 0.0032 32 0.21 1.8 30 82 22 14 2 1 1.7 5.4 22 0.01
KL24-09 283.5 287.9 0.0018 18 0.16 1 32 73 11 37 2 1 0.8 1.4 20 0.01
KL24-09 287.9 291 0.004 40 0.12 1.4 64 74 10 29 1 1 0.9 0.7 21 0.01
KL24-09 291 294 0.0055 55 0.11 4 323 670 26 33 3 1 3.6 4.8 16 0.01
KL24-09 294 297 0.0051 51 0.07 6.3 430 760 24 52 8 1 1.9 6.3 13 0.01
KL24-09 297 300 0.0038 38 0.05 3.1 140 249 14 100 2 1 1.3 2.3 14 0.01
KL24-09 300 303 0.0029 29 0.1 4.2 1000 1140 18 86 1 1 3.4 5.2 18 0.1
KL24-09 303 306 0.0067 67 0.09 5 2800 3000 17 74 1 1 4.3 10.3 20 0.13
KL24-09 306 309 0.0022 22 0.06 3.7 352 780 15 70 1 1 2.4 4.0 21 0.1
KL24-09 309 312 0.0035 35 0.13 4 790 780 15 42 1 1 1.8 3.6 20 0.1
KL24-09 312 315 0.0023 23 0.02 2.4 1030 1340 13 8 0.01 1 2.8 4.6 20 0.01
KL24-09 315 318 0.0012 12 0.01 1.2 345 890 12 5 0.01 1 1.8 2.9 18 0.01
KL24-09 318 321 0.0034 34 0.01 5.4 630 4450 17 4 3 1 4.7 7.1 20 0.01
KL24-09 321 324 0.0036 36 0.04 1.6 347 890 13 6 1 1 1.1 3.2 18 0.01
KL24-09 324 326.5 0.002 20 0.03 1 70 430 11 7 1 1 0.6 2.3 18 0.01



Appendix V - 94 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-09 326.5 330 0.0049 49 0.02 1.6 110 1730 13 7 1 1 1.5 4.0 18 0.01
KL24-09 330 346 0.0018 18 0.03 1 46 990 12 27 0.01 1 1.6 3.8 17 0.01
KL24-09 346 348 0.0026 26 0.06 1.5 820 1470 93 110 1 6 3.8 6.3 31 0.01
KL24-09 348 351 0.0009 9 0.07 0.1 34 51 120 14 0.01 3 3.7 1.1 14 0.01
KL24-09 351 354 0.0013 13 0.58 0.1 28 14 150 14 0.01 6 4.6 3.1 24 0.38
KL24-09 354 357 0.0021 21 0.08 0.1 35 19 110 14 0.01 4 3.5 0.7 27 0.1
KL24-09 357 360 0.44 4400 0.8 1.4 104 53 28 6 1 10 1.1 3.2 24 0.01
KL24-09 360 363 0.026 260 0.12 8.1 229 2520 100 122 10 18 6.1 26.0 24 0.01
KL24-09 363 366 0.019 190 0.19 12.8 3400 7810 42 25 14 3 6.7 28.8 24 0.1
KL24-09 366 369.5 0.0096 96 0.04 8.6 530 1700 30 13 30 1 7.3 14.9 25 0.01
KL24-09 369.5 371.5 0.012 120 0.06 10.8 1450 4900 33 20 21 7 5.8 27.0 27 0.01
KL24-09 371.5 375 0.0086 86 0.04 6 1150 3100 19 8 7 1 9.5 11.3 21 0.01
KL24-09 375 378 0.0201 201 0.2 12.6 2100 2740 44 45 21 2 4.2 16.1 27 0.01
KL24-09 378 382.7 0.424 4240 0.36 198 22800 7000 1380 14 37 6 102 15.0 28 0.26
KL24-09 382.7 384 0.263 2630 0.25 99 31500 30400 430 21 36 8 42 71.5 41 0.31
KL24-09 384 387 0.0324 324 0.07 9.7 3250 3600 44 21 4 1 4.3 11.3 20 0.15
KL24-09 387 389.5 0.136 1360 0.23 134 9100 61600 300 27 48 3 162 141.0 20 0.01
KL24-09 389.5 392.6 0.0187 187 0.18 9.4 1470 2830 55 12 2 1 6.3 7.8 14 0.01
KL24-09 392.6 395.7 0.0108 108 0.13 7.4 1550 2550 24 21 1 1 5.6 9.7 16 0.01
KL24-09 395.7 398.7 0.0275 275 0.09 5.4 1630 2870 22 29 2 1 4.7 8.9 21 0.01
KL24-09 398.7 401.9 0.0148 148 0.14 13.7 4700 9800 23 24 8 1 9.9 25.0 16 0.01
KL24-09 401.9 404.9 0.0105 105 0.09 14.8 3300 4900 26 28 25 1 3.5 12.2 18 0.01
KL24-09 404.9 408 0.0314 314 0.08 6.7 1810 870 24 33 16 3 7 12.3 23 0.01
KL24-09 408 411 0.012 120 0.09 2.9 950 580 40 63 6 4 2.7 10.3 19 0.01
KL24-09 411 414 0.0367 367 0.09 6.8 3180 750 120 25 10 6 5.2 15.1 22 0.01
KL24-09 414 415.8 0.053 530 0.12 8 6300 1100 80 70 9 7 5.5 16.0 84 0.01
KL24-09 415.8 417 0.18 1800 0.95 85 49300 49300 320 107 52 18 40 341.0 241 0.01
KL24-09 417 420.5 0.072 720 0.76 54 26200 33200 350 68 37 12 40 334.0 226 0.16
KL24-09 420.5 423 0.058 580 0.47 33 12400 16900 160 3500 76 8 16 141.0 87 0.01
KL24-09 423 426 0.0297 297 0.12 6.3 580 980 120 3400 41 21 3.2 27.0 24 0.01
KL24-09 426 429 0.0265 265 0.26 12.5 820 2320 120 2400 52 13 3.8 36.0 24 0.01
KL24-09 429 432 0.0172 172 0.48 5.4 980 1570 110 1360 18 15 3.1 27.0 15 0.01
KL24-09 432 435 0.114 1140 0.76 15 4000 4050 160 470 26 7 6 49.0 48 0.16
KL24-09 435 438 0.099 990 0.94 27.5 7300 10300 160 300 54 13 16.5 77.0 64 0.13
KL24-09 438 441 0.14 1400 1.75 39 9000 15000 180 280 96 20 20 87.0 100 0.12
KL24-09 441 443 0.991 9910 5.43 173 38200 24300 210 216 1530 110 20 359.0 131 0.01
KL24-09 443 446.3 0.281 2810 0.34 26.8 7900 2590 130 760 208 41 4.2 91.0 87 0.01
KL24-09 446.3 449.7 0.0182 182 0.1 11.7 6400 5700 52 37 23 4 7.2 88.0 41 0.01
KL24-09 449.7 453 0.032 320 0.09 8.5 560 1510 32 163 25 6 3.1 20.0 37 0.01
KL24-09 453 456 0.0039 39 0.05 1.5 165 450 31 106 3 5 1.8 4.8 20 0.01
KL24-09 456 459 0.0026 26 0.05 18.6 410 9210 34 250 34 2 3.8 41.0 21 0.01
KL24-09 459 462 0.0082 82 0.04 15 980 3300 26 310 34 3 3.4 32.0 21 0.01
KL24-09 462 463.5 0.108 1080 0.33 48 8100 8930 58 196 169 49 4.2 237.0 34 0.01
KL24-09 463.5 466.7 0.007 70 0.12 6.8 2200 1920 66 11 3 4 10.2 7.0 40 0.01
KL24-09 466.7 469.5 0.0055 55 0.13 9.9 7800 3780 80 10 1 3 13.3 5.9 43 0.33
KL24-09 469.5 471.4 0.0076 76 0.12 7.7 6000 2790 97 7 0.01 2 16.1 5.9 40 0.25
KL24-09 471.4 473 0.121 1210 0.2 11.1 1020 1570 49 420 45 17 6.4 46.0 40 0.01
KL24-09 473 477 0.0105 105 0.16 6.2 2850 1570 110 7 2 3 11.7 7.9 40 0.13
KL24-09 477 480 0.0116 116 0.17 6.3 1600 1230 120 20 5 3 9 14.7 38 0.01
KL24-09 480 483 0.0151 151 0.16 16.6 1980 1170 100 27 4 5 6.3 15.4 41 0.01
KL24-09 483 484.7 0.0102 102 0.11 4.8 420 330 48 12 32 4 4.2 6.5 34 0.01
KL24-09 484.7 486 0.062 620 0.07 6.3 510 810 64 206 170 82 7 54.0 30 0.01
KL24-09 486 488.6 0.0078 78 0.08 3.1 242 205 36 147 20 6 4.5 7.4 27 0.01
KL24-09 488.6 490.3 0.0323 323 0.13 3.3 920 580 54 290 104 33 4.9 32.0 24 0.01
KL24-09 490.3 493.9 0.0298 298 0.15 1.6 600 352 81 29 7 14 5.4 4.5 37 0.01
KL24-09 493.9 496 0.0202 202 0.13 5.4 780 740 56 128 56 9 5.1 54.0 34 0.01
KL24-09 496 498.6 0.0226 226 0.15 6.7 930 830 100 32 42 9 7.9 45.0 47 0.01
KL24-09 498.6 501 0.0194 194 0.15 3.5 870 560 130 62 30 9 7.1 20.0 43 0.01
KL24-09 501 503.5 0.0106 106 0.06 1.1 258 186 58 97 11 8 3.1 5.3 20 0.01
KL24-09 503.5 507 0.0233 233 0.11 2.1 1200 303 54 10 15 15 1.8 4.8 31 0.01
KL24-09 507 509 0.0109 109 0.19 2.7 1080 630 76 4 8 9 2.5 12.3 21 0.01
KL24-09 509 511.25 0.0215 215 0.16 2.8 360 207 31 7 2 12 3.1 4.8 45 0.01
KL24-09 511.25 513 0.0059 59 0.13 5.1 1510 1520 50 6 6 3 7.9 10.8 20 0.01



Appendix V - 95 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-09 513 519 0.0022 22 0.06 0.1 83 123 14 2 0.01 1 1 2.7 15 0.01
KL24-09 519 521.5 0.0021 21 0.06 0.1 47 44 13 3 0.01 1 0.5 1.8 13 0.01
KL24-09 521.5 525 0.0016 16 0.04 0.1 60 28 15 1 0.01 1 0.01 1.2 22 0.01
KL24-09 525 528 0.0014 14 0.03 0.1 82 41 12 2 0.01 1 0.5 1.7 20 0.01
KL24-09 528 531 0.0036 36 0.08 0.8 234 229 26 3 0.01 1 1.6 3.8 23 0.01
KL24-09 531 534 0.0043 43 0.16 1.7 382 216 55 5 0.01 1 4.8 8.0 41 0.01
KL24-09 534 537 0.0015 15 0.09 0.8 227 162 17 2 0.01 1 3.3 2.2 18 0.01
KL24-09 537 540 0.002 20 0.11 0.1 170 176 16 2 0.01 1 1.3 1.2 18 0.01
KL24-09 540 543 0.0081 81 0.12 0.9 340 360 31 4 0.01 1 1.8 2.9 16 0.01
KL24-09 543 546 0.0025 25 0.04 0.1 79 95 13 2 1 1 1 1.8 13 0.01
KL24-09 546 549 0.002 20 0.04 0.6 151 220 12 1 0.01 1 1 1.0 11 0.01
KL24-09 549 553 0.0021 21 0.06 0.7 247 273 10 2 0.01 1 0.9 1.0 12 0.01
KL24-09 553 555 0.0126 126 0.06 1.8 620 620 40 36 12 11 4.3 6.3 10 0.01
KL24-09 555 558 0.0063 63 0.07 5.7 1060 1320 19 2 0.01 1 2.7 2.3 11 0.01
KL24-09 558 560 0.0027 27 0.08 20.8 1350 2250 29 1 0.01 1 7.5 10.2 17 0.12
KL24-09 560 563 0.0029 29 0.09 16.3 830 1310 25 2 0.01 1 6.5 5.3 13 0.12
KL24-09 563 566 0.0052 52 0.08 11 830 1160 26 1 0.01 1 5.8 3.5 12 0.01
KL24-09 566 570 0.0017 17 0.09 6.1 690 910 18 1 0.01 1 4.3 3.2 14 0.01
KL24-09 570 573 0.0047 47 0.15 40 1580 820 45 1 0.01 1 11.8 3.4 20 0.15
KL24-09 573 576 0.0043 43 0.17 41 1480 810 46 2 0.01 1 13.8 6.1 25 0.17
KL24-09 576 577.7 0.0083 83 0.14 8.3 1180 820 40 3 0.01 1 5 7.5 18 0.01
KL24-10 0 2.6 0.0047 47 0.06 0.1 19 16 3 1 0.01 1 0.7 0.5 27 0.01
KL24-10 2.6 5.6 0.0036 36 0.07 0.1 35 23 1 1 0.01 1 0.8 1.4 29 0.01
KL24-10 5.6 8.6 0.0042 42 0.03 0.6 460 770 3 5 0.01 1 0.7 2.1 23 0.01
KL24-10 8.6 11.6 0.0014 14 0.02 0.8 131 52 16 2 0.01 1 1.4 3.0 21 0.01
KL24-10 11.6 14.6 0.004 40 0.02 0.1 226 113 14 1 0.01 1 1.5 3.3 30 0.01
KL24-10 14.6 17.6 0.0021 21 0.02 0.1 29 31 7 1 0.01 1 0.9 2.8 22 0.01
KL24-10 17.6 20.6 0.003 30 0.01 0.1 22 56 6 1 0.01 1 0.7 1.6 10 0.01
KL24-10 20.6 23.6 0.0078 78 0.03 0.1 40 46 9 1 0.01 1 1.6 1.6 25 0.01
KL24-10 23.6 26.6 0.0011 11 0.01 0.1 71 385 24 1 0.01 1 1 1.8 24 0.01
KL24-10 26.6 29.6 0.0021 21 0.06 0.1 58 60 17 1 0.01 1 0.9 4.7 37 0.01
KL24-10 29.6 32.6 0.0034 34 0.03 0.7 37 14 8 1 0.01 1 0.9 3.4 92 0.01
KL24-10 32.6 35.6 0.0066 66 0.11 0.1 45 148 12 1 1 2 1.4 15.4 141 0.01
KL24-10 35.6 38.6 0.0019 19 0.06 0.1 83 54 21 1 0.01 4 1.2 3.8 63 0.01
KL24-10 38.6 41.6 0.0035 35 0.02 4.5 138 126 15 1 0.01 1 2 3.6 46 0.01
KL24-10 41.6 44.6 0.0062 62 0.02 15.6 510 640 17 6 4 1 7.1 18.6 16 0.01
KL24-10 44.6 47.3 0.0183 183 0.04 27.5 1750 3030 8 15 24 1 10.8 19.0 31 0.01
KL24-10 47.3 48.5 0.0184 184 0.04 26.7 1650 2940 8 16 28 1 10.3 19.0 28 0.01
KL24-10 48.5 51.5 0.0025 25 0.01 0.8 117 132 4 12 1 1 0.5 3.8 260 0.01
KL24-10 51.5 53.6 0.0266 266 0.05 0.9 146 136 12 2 3 1 1.9 4.3 92 0.01
KL24-10 53.6 56.6 0.0268 268 0.04 0.8 150 143 13 3 2 1 1.5 4.2 114 0.01
KL24-10 56.6 59.3 0.0048 48 0.01 0.1 170 130 3 2 1 1 1.2 1.7 54 0.01
KL24-10 59.3 62.4 0.0021 21 0.01 0.1 49 43 4 7 0.01 1 1 1.0 109 0.01
KL24-10 62.4 65.5 0.0019 19 0.01 0.1 336 235 8 1 2 1 2 2.7 89 0.01
KL24-10 65.5 68.6 0.0028 28 0.02 1.4 260 261 5 2 13 1 1.7 3.7 66 0.01
KL24-10 68.6 71.6 0.75 7500 0.44 1.3 87 15 0.01 70 1 9 0.4 3.6 55 0.01
KL24-10 71.6 74.3 0.0041 41 0.01 0.1 224 141 9 1 1 1 1.4 2.5 120 0.01
KL24-10 74.3 77.4 0.0028 28 0.01 0.1 252 84 4 4 2 1 0.7 1.2 119 0.01
KL24-10 77.4 80.5 0.0036 36 0.01 0.1 147 162 4 11 2 1 1.2 2.0 109 0.01
KL24-10 80.5 83.6 0.0025 25 0.01 0.1 133 148 6 1 1 1 1 1.1 37 0.01
KL24-10 83.6 85.2 0.0027 27 0.02 0.9 450 540 11 11 2 1 1.8 3.2 80 0.01
KL24-10 85.2 87.9 0.0042 42 0.01 0.1 307 140 14 26 2 1 1.3 2.9 58 0.01
KL24-10 87.9 89.3 0.0015 15 0.01 0.1 162 106 7 11 0.01 1 0.3 1.0 35 0.01
KL24-10 89.3 91.9 0.0025 25 0.01 1.8 127 150 19 14 0.01 1 2 1.2 12 0.01
KL24-10 91.9 95 0.0032 32 0.01 0.1 232 134 7 45 0.01 1 1.4 1.1 24 0.01
KL24-10 95 97.5 0.0067 67 0.01 1.5 173 156 17 19 3 1 3.4 6.6 66 0.01
KL24-10 97.5 99.2 0.0043 43 0.01 0.9 194 157 13 22 1 1 1.5 3.7 34 0.01
KL24-10 99.2 101.6 0.0137 137 0.01 10.8 276 770 17 7 0.01 1 24.8 2.4 21 0.01
KL24-10 101.6 104.6 0.0041 41 0.01 2.4 132 200 18 6 0.01 1 3.2 0.6 13 0.01
KL24-10 104.6 106.8 0.0021 21 0.01 1.5 153 500 8 4 0.01 1 1.4 1.3 16 0.01
KL24-10 106.8 109.3 0.0023 23 0.01 1.2 164 570 4 5 0.01 1 1.2 1.5 17 0.01
KL24-10 109.3 112 0.0016 16 0.01 0.6 173 303 3 2 0.01 1 0.9 2.6 21 0.01
KL24-10 113 115 0.0021 21 0.01 1.3 172 274 12 3 0.01 1 2.3 1.6 17 0.01



Appendix V - 96 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-10 115 117.4 0.0029 29 0.01 0.1 112 312 19 3 0.01 1 0.6 1.1 15 0.01
KL24-10 117.4 119.1 0.0026 26 0.01 0.1 98 600 27 8 0.01 1 0.9 2.0 27 0.01
KL24-10 119.1 122 0.0112 112 0.1 1.5 530 870 190 11 0.01 1 4.8 3.5 18 0.18
KL24-10 122 124.9 0.0024 24 0.05 0.1 219 271 760 14 1 1 9.5 5.4 17 0.24
KL24-10 124.9 127 0.0027 27 0.04 1.4 510 810 49 2 1 1 4.1 2.9 20 1
KL24-10 127 128.6 0.0032 32 0.01 0.1 137 201 22 1 0.01 1 0.6 5.0 22 0.01
KL24-10 128.6 131.6 0.0027 27 0.01 0.1 268 400 30 1 0.01 1 2 4.3 21 0.42
KL24-10 131.6 134.6 0.0018 18 0.01 1 371 670 47 3 2 1 0.8 2.9 22 0.27
KL24-10 134.6 137.6 0.0015 15 0.01 0.1 106 363 33 1 0.01 1 0.9 1.4 20 0.01
KL24-10 137.6 140.6 0.0016 16 0.01 0.1 137 580 5 1 0.01 1 0.9 0.7 16 0.01
KL24-10 140.6 143.6 0.0076 76 0.01 0.8 640 590 26 3 0.01 1 2 0.8 24 0.01
KL24-10 143.6 146.6 0.0026 26 0.02 0.1 234 243 27 23 0.01 1 0.6 1.1 26 0.01
KL24-10 146.6 149.6 0.048 480 0.09 2.9 1040 1570 24 19 0.01 3 2.4 4.5 30 0.01
KL24-10 149.6 152.6 0.112 1120 0.3 3.6 1400 1340 1200 31 2 3 12 7.8 19 0.11
KL24-10 152.6 155.4 0.0203 203 0.05 1.1 650 840 27 19 1 1 1.3 2.2 27 0.01
KL24-10 155.4 158.1 0.0039 39 0.03 1 570 930 33 12 0.01 1 2.7 3.6 15 0.01
KL24-10 158.1 161.1 0.002 20 0.01 0.8 402 550 9 5 0.01 1 1 1.8 9 0.01
KL24-10 161.1 164.2 0.0023 23 0.01 0.8 430 590 12 4 0.01 1 1.1 1.8 12 0.01
KL24-10 164.2 167.3 0.0021 21 0.01 0.1 198 152 5 7 0.01 1 0.5 1.6 8 0.01
KL24-10 167.3 170.4 0.003 30 0.01 0.1 208 490 6 16 0.01 1 1 2.2 9 0.01
KL24-10 170.4 173.5 0.0015 15 0.01 0.1 269 630 5 19 0.01 1 1 2.1 14 0.01
KL24-10 173.5 176.1 0.002 20 0.01 0.1 322 490 2 6 0.01 1 0.7 3.0 15 0.01
KL24-10 176.1 179.2 0.0021 21 0.01 0.9 1120 1590 3 8 0.01 1 1 2.6 13 0.01
KL24-10 179.2 181.1 0.0024 24 0.01 0.1 232 408 1 1 0.01 1 0.7 1.3 13 0.01
KL24-10 181.1 182.6 0.0026 26 0.01 0.1 160 274 1 5 0.01 1 0.4 1.1 14 0.01
KL24-10 182.6 184.9 0.0096 96 0.02 0.8 500 308 20 5 0.01 1 1 2.1 15 0.01
KL24-10 184.9 188 0.0106 106 0.01 0.1 417 343 5 8 0.01 1 1 1.8 11 0.01
KL24-10 188 191 0.0045 45 0.02 2 480 1120 10 3 0.01 1 1.5 4.3 15 0.01
KL24-10 191 192.7 0.004 40 0.01 0.5 640 336 11 4 1 1 1.3 1.7 68 0.01
KL24-10 192.7 194.6 0.0028 28 0.01 1.8 2740 990 2 3 0.01 1 1.8 4.3 8 0.01
KL24-10 194.6 197.6 0.0025 25 0.01 0.5 560 399 5 1 0.01 1 1 3.1 7 0.01
KL24-10 197.6 200.6 0.0028 28 0.01 0.1 106 107 3 11 0.01 1 0.3 1.5 20 0.01
KL24-10 200.6 203.3 0.0021 21 0.01 0.1 113 126 3 9 0.01 1 0.6 2.0 14 0.01
KL24-10 203.3 206.2 0.0338 338 0.08 2.5 1350 850 54 18 0.01 1 3 4.3 26 0.01
KL24-10 206.2 209.3 0.0024 24 0.01 0.6 117 114 3 8 0.01 1 0.4 2.5 15 0.01
KL24-10 209.3 212.4 0.0074 74 0.02 4.2 2100 2130 15 4 0.01 1 3.8 9.3 14 0.01
KL24-10 212.4 214 0.006 60 0.01 0.8 90 410 6 10 0.01 1 0.7 1.7 26 0.01
KL24-10 214 216.6 0.0174 174 0.12 5.8 3380 2560 31 76 6 3 2.7 12.5 53 0.01
KL24-10 216.6 218.6 0.0028 28 0.01 0.7 420 550 3 14 0.01 1 0.7 1.5 20 0.01
KL24-10 218.6 221.6 0.0031 31 0.01 0.5 287 300 3 7 0.01 1 0.6 1.8 18 0.01
KL24-10 221.6 224.6 0.0015 15 0.01 0.1 420 360 3 12 0.01 1 0.5 2.5 16 0.01
KL24-10 224.6 227.6 4.31 43100 1.47 3.5 365 131 0.01 13 3 24 0.01 18.8 35 0.01
KL24-10 227.6 230.6 0.012 120 0.02 2 1910 2280 10 16 6 1 2.5 36.0 17 0.01
KL24-10 230.6 233.6 0.089 890 0.04 1.5 610 620 12 30 5 2 1.1 5.0 24 0.01
KL24-10 233.6 236.6 0.0181 181 0.03 0.8 1020 1070 18 10 1 3 1.1 2.8 23 0.01
KL24-10 236.6 239.6 0.0105 105 0.08 2.3 1630 510 23 133 30 2 1.2 8.5 15 0.01
KL24-10 239.6 242.6 0.33 3300 0.16 88 44400 32500 25 558 1090 15 10.5 193.0 42 0.01
KL24-10 242.6 245.6 0.0118 118 0.17 1.3 299 175 10 2040 10 1 0.6 9.0 36 0.01
KL24-10 245.6 248.6 0.0242 242 0.26 1.8 680 254 16 1990 12 1 1 12.0 34 0.01
KL24-10 248.6 251.6 0.0215 215 0.03 1.1 640 138 9 138 26 1 0.5 4.3 43 0.01
KL24-10 251.6 254.6 2.36 23600 1.51 24.3 162000 301 14 78 272 100 0.7 135.0 38 0.01
KL24-10 254.6 257.6 0.67 6700 1.17 15.1 100000 5360 8 498 228 48 2.5 158.0 25 0.01
KL24-10 257.6 260.6 0.39 3900 2.99 35 77400 8820 49 53 1300 36 10.7 345.0 42 0.01
KL24-10 260.6 263.6 0.2 2000 0.19 4.9 2150 790 6 1340 75 1 0.5 19.3 25 0.01
KL24-10 263.6 266.6 0.116 1160 0.25 7.2 8300 590 21 550 306 12 0.4 29.4 16 0.01
KL24-10 266.6 269.6 0.57 5700 6.95 77 18300 5400 16 229 1560 12 0.8 196.0 32 0.01
KL24-10 269.6 272.6 0.15 1500 0.31 2.3 6100 174 13 207 39 5 0.2 16.5 14 0.01
KL24-10 272.6 275.6 0.25 2500 0.3 3.8 4930 430 17 71 20 4 0.5 12.3 18 0.01
KL24-10 275.6 278.6 0.28 2800 0.63 13.7 25900 2150 18 21 67 12 4.3 40.0 41 0.01
KL24-10 278.6 281.6 0.421 4210 0.22 1.6 400 131 5 477 3 34 0.3 6.3 16 0.01
KL24-10 281.6 284.6 0.338 3380 0.25 1.6 360 37 17 794 4 14 0.01 7.8 22 0.01
KL24-10 284.6 287.6 0.064 640 0.06 0.1 126 35 45 165 2 2 0.01 2.0 25 0.01
KL24-10 287.6 290.6 0.6 6000 0.37 3 3260 30 18 101 2 32 0.01 9.3 26 0.01



Appendix V - 97 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-10 290.6 293.6 1 10000 0.56 4.1 1100 40 8 45 4 36 0.01 11.5 14 0.01
KL24-10 293.6 296.6 0.63 6300 0.36 2.3 13800 21 6 46 3 52 0.2 19.0 19 0.01
KL24-10 296.6 299.6 0.63 6300 0.38 2.3 7200 24 6 401 2 16 0.01 13.3 22 0.01
KL24-10 299.6 302.6 0.88 8800 0.33 4.3 1570 12 4 25 3 149 0.2 11.5 15 0.01
KL24-10 302.6 304.6 0.87 8700 0.33 4.6 21900 15 14 93 3 218 0.7 15.0 15 0.01
KL24-10 304.6 307.4 0.92 9200 0.78 8.4 7000 212 6 12 24 86 0.4 19.5 19 0.01
KL24-10 307.4 308.6 0.385 3850 0.35 5.9 2890 138 5 12 48 56 0.5 7.0 17 0.01
KL24-10 308.6 311.6 2.78 27800 1.73 5.1 133 36 1 104 2 28 0.01 12.0 35 0.01
KL24-10 311.6 314.6 0.51 5100 0.22 4.7 10100 62 4 9 10 88 0.2 7.0 12 0.01
KL24-10 314.6 317.6 0.93 9300 0.83 9.3 1690 12 3 9 53 33 0.9 10.3 12 0.01
KL24-10 317.6 320.6 0.8 8000 0.91 6 710 21 2 5 40 51 0.01 8.3 14 0.01
KL24-10 320.6 323.6 0.56 5600 0.45 1.8 312 19 1 6 2 58 0.01 6.8 18 0.01
KL24-10 323.6 326.6 0.96 9600 0.69 2.1 310 7 1 16 4 52 0.01 11.0 16 0.01
KL24-10 326.6 329.6 0.8 8000 0.8 1.2 122 8 9 27 0.01 33 0.01 8.5 25 0.01
KL24-10 329.6 332.6 1.53 15300 1.36 1.9 510 15 2 147 0.01 42 0.01 16.5 26 0.01
KL24-10 332.6 335.6 0.29 2900 0.39 0.6 137 6 1 4 0.01 35 0.01 5.5 19 0.01
KL24-10 335.6 338.6 1.17 11700 0.96 1.3 223 7 3 3 0.01 24 0.01 10.5 44 0.01
KL24-10 338.6 341.6 0.69 6900 0.47 0.9 124 7 1 1 0.01 35 0.01 7.3 61 0.01
KL24-10 341.6 344.6 0.23 2300 0.24 2.6 6800 11 5 13 4 28 0.01 4.0 16 0.01
KL24-10 344.6 347.6 0.0022 22 0.01 0.6 276 213 2 13 0.01 1 0.7 1.3 13 0.01
KL24-10 347.6 350.6 0.97 9700 0.77 1.6 147 13 0.01 11 2 27 0.01 9.0 37 0.01
KL24-10 350.6 352.9 1.02 10200 0.75 1.8 165 10 1 131 2 23 0.01 8.5 87 0.01
KL24-10 352.9 354.5 0.7 7000 0.31 4.2 266 27 1 166 2 20 0.01 9.5 82 0.01
KL24-10 354.5 356.6 0.85 8500 0.77 3.8 620 11 3 860 4 21 0.6 7.3 58 0.01
KL24-10 356.6 359.6 0.76 7600 0.53 1.5 108 11 1 660 0.01 15 0.01 8.6 121 0.01
KL24-10 359.6 362.6 0.89 8900 0.53 1.4 63 11 0.01 59 0.01 11 0.01 6.5 84 0.01
KL24-10 362.6 365.6 0.62 6200 0.34 1.7 128 21 0.01 77 1 10 0.01 4.8 69 0.01
KL24-10 365.6 368.6 0.63 6300 0.44 1.4 225 21 1 89 0.01 13 0.01 6.3 86 0.01
KL24-10 368.6 371.6 0.75 7500 0.48 1.3 50 23 0.01 62 0.01 12 0.01 5.0 90 0.01
KL24-10 371.6 374.6 0.4 4000 0.17 1.1 42 12 1 14 0.01 6 0.01 4.0 113 0.01
KL24-10 374.6 377.6 0.7 7000 0.53 2.1 2010 460 2 50 3 7 0.6 5.3 116 0.01
KL24-10 377.6 380.6 0.43 4300 0.32 1 30 10 1 11 0.01 5 0.01 4.6 243 0.01
KL24-10 380.6 383.6 0.431 4310 0.19 1.3 59 18 1 17 0.01 7 0.01 7.9 147 0.01
KL24-10 383.6 386.6 0.53 5300 0.46 1.3 56 13 1 47 0.01 13 0.01 4.3 78 0.01
KL24-10 386.6 389.6 0.61 6100 0.43 1.2 54 11 0.01 52 0.01 13 0.01 4.8 69 0.01
KL24-10 389.6 392.6 0.69 6900 0.48 1.2 60 19 1 101 1 12 0.01 4.0 99 0.01
KL24-10 392.6 395.6 0.53 5300 0.4 1.7 65 15 0.01 34 1 11 0.01 4.3 72 0.01
KL24-10 395.6 398.6 0.78 7800 0.48 1.8 59 12 1 78 0.01 14 0.01 4.8 103 0.01
KL24-10 398.6 401.6 0.83 8300 0.5 1.6 65 10 0.01 132 0.01 13 0.01 4.5 78 0.01
KL24-10 401.6 404.6 0.65 6500 0.33 2 84 27 2 47 2 11 0.6 8.6 67 0.01
KL24-10 404.6 407.6 0.55 5500 0.24 1.1 57 16 9 43 0.01 10 0.01 4.3 95 0.01
KL24-10 407.6 410.6 0.65 6500 0.36 1.3 84 18 3 38 0.01 9 0.01 4.1 123 0.01
KL24-10 410.6 413.6 0.68 6800 0.55 1.3 106 26 1 70 0.01 8 0.5 3.8 80 0.01
KL24-10 413.6 416.6 0.93 9300 0.68 1.8 207 24 1 113 1 13 0.2 5.0 79 0.01
KL24-10 416.6 419.6 0.71 7100 0.5 1.4 71 21 0.01 93 0.01 9 0.01 4.6 78 0.01
KL24-10 419.6 422.6 0.52 5200 0.34 1.4 104 35 0.01 164 0.01 11 0.4 5.0 70 0.01
KL24-10 422.6 425.6 0.4 4000 0.28 1.5 78 48 2 96 1 10 0.2 6.3 74 0.01
KL24-10 425.6 428.6 0.518 5180 0.53 1.1 39 13 1 25 1 6 0.01 4.8 175 0.01
KL24-10 428.6 431.6 0.45 4500 0.36 1.3 36 11 1 74 0.01 12 0.01 5.8 72 0.01
KL24-10 431.6 434.6 0.61 6100 0.4 1.4 67 18 1 61 0.01 12 0.01 5.5 64 0.01
KL24-10 434.6 437.6 0.368 3680 0.27 0.9 33 8 3 56 0.01 8 0.01 3.0 152 0.01
KL24-10 437.6 440.6 0.435 4350 0.23 1 201 82 1 48 0.01 9 0.01 5.3 59 0.01
KL24-10 440.6 443.6 0.556 5560 0.24 1.6 54 25 6 37 1 8 0.5 6.1 125 0.01
KL24-10 443.6 446.6 0.722 7220 0.08 1.5 112 28 2 429 2 6 0.01 6.3 39 0.01
KL24-10 446.6 449.6 0.428 4280 0.2 1.1 49 21 2 22 1 5 0.2 3.3 200 0.01
KL24-10 449.6 452 0.722 7220 0.51 2.8 76 20 3 26 0.01 11 0.3 8.0 89 0.01
KL24-10 452 453.7 0.357 3570 0.23 1.4 65 22 1 160 0.01 12 0.2 9.3 65 0.01
KL24-10 453.7 455.6 0.64 6400 0.29 2.4 88 39 4 81 5 14 0.9 14.5 79 0.01
KL24-10 455.6 458.6 0.442 4420 0.29 2.2 76 25 1 192 2 12 0.3 8.0 67 0.01
KL24-10 458.6 461.6 0.8 8000 0.44 0.9 54 6 1 121 0.01 13 0.01 4.0 78 0.01
KL24-10 461.6 464.6 0.585 5850 0.25 1.7 46 13 2 30 1 7 0.01 4.5 238 0.01
KL24-10 464.6 467.6 1.49 14900 0.64 4.8 119 41 190 19 4 5 8 10.5 95 0.01
KL24-10 467.6 470.6 0.78 7800 0.75 2.5 161 42 10 15 4 4 0.9 5.7 71 0.01



Appendix V - 98 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-10 470.6 473.6 0.75 7500 0.25 1.8 34 16 2 13 2 7 0.01 5.5 195 0.01
KL24-10 473.6 476.6 0.389 3890 0.26 1.1 48 14 1 12 0.01 7 0.01 5.5 145 0.01
KL24-10 476.6 479.6 0.408 4080 0.43 1 53 18 4 14 1 6 0.5 5.5 194 0.01
KL24-10 479.6 482.6 0.52 5200 0.5 0.8 47 13 1 12 1 7 0.01 4.7 170 0.01
KL24-10 482.6 485.6 1.09 10900 0.96 2.7 61 25 1 10 3 7 0.2 7.5 223 0.01
KL24-10 485.6 488.6 0.48 4800 0.48 1.1 51 15 2 10 1 7 0.4 3.9 169 0.01
KL24-10 488.6 491.6 0.366 3660 0.18 1 85 29 34 8 1 6 10.5 4.3 166 0.01
KL24-10 491.6 494.6 0.429 4290 0.3 1.1 52 18 2 12 1 8 0.4 3.8 179 0.01
KL24-10 494.6 497.6 0.395 3950 0.4 0.8 57 16 2 13 1 5 0.3 3.5 152 0.01
KL24-10 497.6 500.6 0.37 3700 0.32 0.9 41 10 1 21 0.01 6 0.01 2.3 188 0.01
KL24-10 500.6 503.6 0.382 3820 0.4 1 25 9 1 8 0.01 5 0.01 3.3 182 0.01
KL24-10 503.6 506.6 0.412 4120 0.39 0.9 63 20 2 13 2 5 0.6 4.3 136 0.01
KL24-10 506.6 509.6 0.299 2990 0.27 1.5 105 91 8 9 5 4 6.8 7.7 186 0.01
KL24-10 509.6 512.6 0.28 2800 0.3 0.7 82 35 1 12 1 4 0.3 1.5 217 0.01
KL24-10 512.6 515.6 0.56 5600 0.17 1.5 125 76 2 32 3 6 1.4 3.3 108 0.01
KL24-10 515.6 518.6 0.605 6050 0.33 1.6 40 22 2 15 2 6 0.6 3.9 230 0.01
KL24-10 518.6 521.6 0.546 5460 0.45 1.4 62 28 1 17 1 5 0.01 3.5 189 0.01
KL24-10 521.6 524.6 0.71 7100 0.39 1.4 71 26 15 16 2 5 0.4 2.3 215 0.01
KL24-10 524.6 527.6 0.488 4880 0.54 1.2 82 26 10 45 1 7 0.3 3.3 170 0.01
KL24-10 527.6 530.6 0.517 5170 0.56 1.1 35 13 4 10 0.01 5 0.2 2.3 92 0.01
KL24-10 530.6 533.6 1.85 18500 0.32 2.8 172 49 11 154 2 19 0.4 13.5 54 0.01
KL24-10 533.6 536.6 0.605 6050 0.2 1.8 125 36 2 20 3 4 0.2 2.3 203 0.01
KL24-10 536.6 539.6 0.446 4460 0.5 1.1 48 14 4 9 1 3 0.01 3.0 202 0.01
KL24-10 539.6 542.6 0.24 2400 0.21 0.8 95 48 1 19 1 6 0.01 3.0 111 0.01
KL24-10 542.6 545.6 0.474 4740 0.4 1.2 45 15 4 22 1 5 0.01 4.0 195 0.01
KL24-10 545.6 548.6 0.6 6000 0.31 1.9 37 13 5 24 1 6 0.01 6.5 188 0.01
KL24-10 548.6 551.6 0.91 9100 0.53 2.6 41 15 8 18 1 8 0.2 6.0 131 0.01
KL24-10 551.6 554.6 0.67 6700 0.36 1.9 66 26 4 40 1 6 0.01 4.7 214 0.01
KL24-10 554.6 557.6 0.451 4510 0.47 1 44 20 2 38 1 6 0.01 4.3 168 0.01
KL24-10 557.6 560.6 0.418 4180 0.37 1.2 32 11 1 15 1 5 0.01 4.3 162 0.01
KL24-10 560.6 563.6 0.488 4880 0.5 1.1 39 12 2 28 1 5 0.01 5.3 116 0.01
KL24-10 563.6 566.6 0.456 4560 0.54 0.9 76 15 8 60 1 5 0.01 5.1 166 0.01
KL24-10 566.6 569.6 0.493 4930 0.45 1 98 22 7 58 1 8 0.01 4.5 175 0.01
KL24-10 569.6 572.6 0.418 4180 0.2 1.1 54 12 1 35 1 7 0.01 4.5 80 0.01
KL24-10 572.6 575.6 0.575 5750 0.36 0.9 70 16 1 71 1 10 0.2 4.3 86 0.01
KL24-10 575.6 578.6 0.448 4480 0.24 1 41 18 0.01 21 0.01 6 0.01 4.1 97 0.01
KL24-10 578.6 581.6 0.24 2400 0.15 0.9 37 20 2 24 1 5 0.01 2.8 113 0.01
KL24-10 581.6 584.6 0.375 3750 0.25 1.2 140 54 1 17 2 5 0.01 4.0 103 0.01
KL24-10 584.6 587.6 0.434 4340 0.24 1.1 68 27 2 18 1 5 0.4 4.5 104 0.01
KL24-10 587.6 590.6 0.342 3420 0.25 1 63 24 3 22 1 6 0.2 4.3 99 0.01
KL24-10 590.6 593.6 0.409 4090 0.18 1.2 47 16 5 23 1 5 0.5 4.5 185 0.01
KL24-10 593.6 596.6 0.425 4250 0.35 0.8 46 22 2 14 1 4 0.01 3.2 205 0.01
KL24-10 596.6 599.6 0.423 4230 0.21 1 50 17 3 17 1 5 0.2 3.5 182 0.01
KL24-10 599.6 602.6 0.346 3460 0.11 1.2 116 32 3 63 1 5 0.2 3.3 185 0.01
KL24-10 602.6 605.6 0.437 4370 0.21 1.4 75 38 0.01 24 0.01 5 0.3 4.3 114 0.01
KL24-10 605.6 607.5 0.644 6440 0.67 1.2 64 14 1 80 1 7 0.01 4.3 78 0.01
KL24-10 607.5 608.6 0.76 7600 0.48 1.2 63 12 0.01 100 0.01 11 0.01 6.3 74 0.01
KL24-10 608.6 611.6 0.389 3890 0.15 1.3 153 22 1 26 1 11 0.01 5.5 56 0.01
KL24-10 611.6 614.6 0.527 5270 0.36 1.2 790 166 1 48 2 8 0.3 5.5 71 0.01
KL24-10 614.6 617.6 0.435 4350 0.35 1 37 16 1 25 1 5 0.01 4.3 186 0.01
KL24-10 617.6 620.6 0.48 4800 0.24 1 61 12 0.01 18 1 8 0.01 2.8 142 0.01
KL24-10 620.6 623.5 0.575 5750 0.49 0.7 74 26 1 29 1 12 0.2 5.3 72 0.01
KL24-10 623.5 626.6 0.8 8000 0.32 2.5 93 61 8 25 3 12 0.8 8.3 55 0.01
KL24-10 626.6 629.6 0.477 4770 0.65 1.2 31 8 1 12 1 4 0.01 3.2 213 0.01
KL24-10 629.6 632.6 0.281 2810 0.13 0.9 36 7 0.01 119 0.01 6 0.01 2.5 206 0.01
KL24-10 632.6 635.6 0.378 3780 0.17 0.9 30 9 0.01 13 0.01 7 0.3 4.0 197 0.01
KL24-10 635.6 638.1 0.324 3240 0.11 1 34 9 1 10 0.01 6 0.4 2.5 129 0.01
KL24-10 638.1 641.1 0.352 3520 0.21 0.8 26 8 0.01 14 0.01 4 0.01 2.8 217 0.01
KL24-10 641.1 644.2 0.517 5170 0.33 1.2 27 13 1 21 0.01 8 0.01 4.0 216 0.01
KL24-10 644.2 647.3 0.346 3460 0.24 0.8 41 13 1 20 1 6 0.01 2.3 166 0.01
KL24-10 647.3 650.1 0.252 2520 0.14 0.6 28 10 0.01 9 0.01 4 0.01 2.0 177 0.01
KL24-10 650.1 653.2 0.287 2870 0.18 0.8 28 10 0.01 13 0.01 4 0.01 2.5 184 0.01
KL24-10 653.2 656.3 0.22 2200 0.12 0.6 26 10 0.01 9 0.01 3 0.01 1.8 156 0.01



Appendix V - 99 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-10 656.3 659.4 0.304 3040 0.14 0.7 32 9 0.01 14 0.01 6 0.01 2.7 103 0.01
KL24-10 659.4 662.5 0.311 3110 0.13 0.8 27 8 1 8 0.01 7 0.01 2.8 113 0.01
KL24-10 662.5 665.6 0.408 4080 0.21 1.1 34 15 1 8 0.01 7 0.01 3.5 96 0.01
KL24-10 665.6 668.6 0.332 3320 0.16 0.8 36 14 2 15 0.01 7 0.3 4.0 128 0.01
KL24-10 668.6 671.6 0.353 3530 0.13 1 37 17 2 13 1 7 0.3 3.3 103 0.01
KL24-10 671.6 674.6 0.313 3130 0.17 0.8 58 12 0.01 12 0.01 5 0.01 3.0 104 0.01
KL24-10 674.6 677.6 0.415 4150 0.25 1.1 41 11 0.01 8 1 6 0.01 4.0 97 0.01
KL24-10 677.6 680.6 0.412 4120 0.21 0.8 33 14 0.01 12 0.01 7 0.01 4.0 160 0.01
KL24-10 680.6 682.1 0.517 5170 0.29 1.6 36 10 0.01 21 0.01 8 0.01 3.4 150 0.01
KL24-11 0 2
KL24-11 2 5
KL24-11 5 8.1
KL24-11 8.1 11.2
KL24-11 11.2 14.3
KL24-11 14.3 17.4
KL24-11 17.4 20.5
KL24-11 20.5 23.5
KL24-11 23.5 26.5
KL24-11 26.5 29.5
KL24-11 29.5 32.5
KL24-11 32.5 35.5
KL24-11 35.5 38.5
KL24-11 38.5 41.5
KL24-11 41.5 44.5
KL24-11 44.5 45.9
KL24-11 45.9 47.5
KL24-11 47.5 50.5
KL24-11 50.5 53.5
KL24-11 53.5 56.5
KL24-11 56.5 59.5
KL24-11 59.5 62.5
KL24-11 62.5 65.5
KL24-11 65.5 68.5
KL24-11 68.5 71.5
KL24-11 74.5 77.5
KL24-11 77.5 80.5
KL24-11 80.5 83.5
KL24-11 83.5 86.5
KL24-11 86.5 87.5
KL24-11 87.5 90.5
KL24-11 90.5 93.5
KL24-11 93.5 96.5
KL24-11 96.5 99.2
KL24-11 99.2 102.3
KL24-11 102.3 105.4
KL24-11 105.4 108.5
KL24-11 108.5 111.5
KL24-11 111.5 114.5
KL24-11 114.5 117.5
KL24-11 117.5 120.5
KL24-11 120.5 123.3
KL24-11 123.3 126.3
KL24-11 128.9 131.4
KL24-11 131.4 132.5
KL24-11 132.5 135.3
KL24-11 180.5 183.5
KL24-11 213.5 216.5 0.0029 29 0.01 1.8 950 1330 10 12 0.01 1 1.4 2.0 15 0.01
KL24-11 216.5 219.5 0.0016 16 0.01 0.1 166 243 6 9 0.01 1 0.5 0.5 10 0.01
KL24-11 219.5 222.5 0.0038 38 0.01 4 1010 1590 10 27 4 1 2.2 6.5 16 0.01
KL24-11 222.5 225.5 0.0024 24 0.01 0.1 181 267 3 9 0.01 1 0.6 0.0 24 0.01
KL24-11 225.5 228.5 0.0039 39 0.01 1.8 276 770 6 18 2 1 2 3.0 21 0.01
KL24-11 228.5 231.5 0.0029 29 0.01 0.7 401 367 1 6 0.01 1 0.9 2.3 17 0.01
KL24-11 231.5 234.5 0.0018 18 0.01 1.2 311 385 1 4 2 1 1 2.5 16 0.01



Appendix V - 100 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-11 234.5 237.5 0.001 10 0.01 1.3 540 1070 3 4 0.01 1 1.6 2.8 14 0.01
KL24-11 237.5 240.5 0.0015 15 0.01 0.8 276 374 4 7 0.01 1 0.9 2.3 19 0.01
KL24-11 240.5 243.5 0.0032 32 0.01 1.8 620 920 13 12 0.01 1 2.2 3.5 22 0.01
KL24-11 243.5 246.5 0.0018 18 0.01 2.1 261 450 8 11 1 1 1 7.3 17 0.01
KL24-11 246.5 249.5 0.0284 284 0.06 1.7 1500 690 16 9 5 1 1.7 3.8 15 0.01
KL24-11 249.5 252.5 0.0026 26 0.01 0.1 109 85 4 6 0.01 1 0.4 0.8 11 0.01
KL24-11 252.5 255.5 0.0194 194 0.02 0.1 1220 287 11 36 0.01 1 1.1 3.5 20 0.01
KL24-11 255.5 258.5 0.0193 193 0.02 0.1 331 378 15 21 3 1 0.7 4.5 15 0.01
KL24-11 258.5 261.5 0.0405 405 0.05 0.9 1350 240 24 285 2 1 1 7.3 23 0.01
KL24-11 261.5 264.5 0.01 100 0.03 1.8 630 356 9 47 1 1 1.3 2.5 19 0.01
KL24-11 264.5 267.5 0.0042 42 0.06 5 1260 1100 8 7 0.01 1 2.6 4.5 18 0.01
KL24-11 267.5 270.5 0.0054 54 0.16 38 5300 7600 17 7 0.01 1 9.1 38.5 18 0.01
KL24-11 270.5 273.5 0.0056 56 0.03 1.4 560 550 11 13 0.01 1 1.9 3.5 27 0.01
KL24-11 273.5 276.5 0.0038 38 0.01 2.1 1630 1850 9 10 0.01 1 3.1 5.3 16 0.01
KL24-11 276.5 279.5 0.0108 108 0.01 2.3 2080 3250 9 15 1 1 4.2 10.0 24 0.01
KL24-11 279.5 282.5 0.0064 64 0.01 0.8 780 890 4 12 3 1 1.1 3.6 18 0.01
KL24-11 282.5 285.5 0.006 60 0.01 1.5 1650 920 7 24 2 1 1.3 4.0 19 0.01
KL24-11 285.5 288.5 0.0068 68 0.02 0.1 397 130 9 15 0.01 1 0.6 2.3 17 0.01
KL24-11 288.5 291 0.0043 43 0.02 0.1 238 141 3 14 1 1 0.4 1.3 11 0.01
KL24-11 291 294 0.0139 139 0.02 2.2 860 450 9 8 26 1 0.6 5.0 18 0.01
KL24-11 294 296.6 0.0238 238 0.65 1.2 1030 160 27 10 5 2 0.9 2.8 32 0.01
KL24-11 296.6 298.2 0.0137 137 0.08 0.1 400 36 18 14 2 1 0.3 1.3 11 0.01
KL24-11 298.2 300.6 0.063 630 0.45 1.3 3960 121 12 11 24 6 0.5 6.3 18 0.01
KL24-11 300.6 303.6 0.0074 74 0.01 0.1 289 163 8 6 1 1 0.3 1.3 14 0.01
KL24-11 303.6 306.5 0.162 1620 0.21 1.3 3350 160 21 43 20 6 1.9 13.3 36 0.01
KL24-11 306.5 309.5 0.0326 326 0.26 0.1 81 47 7 213 23 1 0.2 2.2 58 0.01
KL24-11 309.5 312.5 0.0192 192 0.06 0.1 168 28 2 440 2 2 1 0.8 78 0.01
KL24-11 312.5 315.5 0.123 1230 0.18 0.6 203 191 4 1030 4 6 2.6 7.0 105 0.01
KL24-11 315.5 318.5 0.203 2030 1.56 3 318 43 5 307 5 4 0.3 9.3 135 0.01
KL24-11 318.5 321.5 0.098 980 0.2 0.1 140 64 15 368 15 3 0.9 6.8 112 0.01
KL24-11 321.5 324.5 0.77 7700 1.32 5.4 3900 70 19 71 85 15 1.2 26.4 73 0.01
KL24-11 324.5 327.5 0.45 4500 0.66 6.7 5700 75 8 206 590 7 1 75.5 44 0.01
KL24-11 327.5 330.5 0.231 2310 0.48 1.1 182 49 8 212 240 2 0.4 20.4 43 0.01
KL24-11 330.5 333.5 0.68 6800 1.62 3.1 1080 70 8 158 320 7 0.6 23.8 33 0.01
KL24-11 333.5 336.5 0.23 2300 0.48 1.1 217 45 14 82 53 4 1.1 16.5 42 0.01
KL24-11 336.5 339.5 1.35 13500 2.28 6 8000 82 10 48 305 22 0.01 37.0 36 0.01
KL24-11 339.5 342.5 0.51 5100 0.39 2.1 5400 24 3 49 36 10 0.01 18.8 28 0.01
KL24-11 342.5 345.5 0.7 7000 0.41 2.4 4600 32 4 77 5 25 0.01 19.2 63 0.01
KL24-11 345.5 348.5 1.17 11700 0.72 2.9 1180 35 6 198 6 23 0.2 15.5 42 0.01
KL24-11 348.5 351.5 0.97 9700 0.72 2.4 430 23 6 213 6 22 0.2 18.0 46 0.01
KL24-11 351.5 354.5 0.501 5010 0.59 6.1 740 78 4 140 78 25 0.01 32.4 44 0.01
KL24-11 354.5 357.5 0.23 2300 0.36 3.7 750 51 8 1620 6 5 0.01 35.3 63 0.01
KL24-11 357.5 360.5 0.193 1930 0.18 0.7 53 20 9 1520 3 3 0.01 7.3 51 0.01
KL24-11 360.5 363.5 0.325 3250 3.07 1.8 239 32 12 235 28 22 0.01 21.5 95 0.01
KL24-11 363.5 366.5 0.93 9300 0.49 2.3 1290 31 4 70 5 26 0.01 24.8 61 0.01
KL24-11 366.5 369.5 0.5 5000 0.39 3 36000 24 11 24 16 91 1 34.5 36 0.01
KL24-11 369.5 372.5 0.2 2000 0.22 4.1 4700 238 12 8 26 20 1.5 11.5 26 0.01
KL24-11 372.5 375.5 0.6 6000 0.54 11.5 22600 620 16 7 16 34 0.8 19.5 46 0.01
KL24-11 375.5 377.6 0.123 1230 0.25 5.4 1980 700 17 7 11 4 0.6 8.5 35 0.01
KL24-11 377.6 379.5 0.074 740 0.2 3.4 2730 2150 3 6 9 10 0.7 10.8 21 0.01
KL24-11 379.5 381.5 1.41 14100 1.08 5.4 600 26 3 7 18 38 2.2 19.5 42 0.01
KL24-11 381.5 384.5 0.76 7600 0.81 1.1 132 41 2 13 1 17 0.01 8.5 46 0.01
KL24-11 384.5 387.5 0.97 9700 0.72 1.2 640 10 0.01 17 2 27 0.01 13.3 36 0.01
KL24-11 387.5 390.5 2.26 22600 1.94 3.1 129 23 0.01 13 2 25 0.01 14.0 29 0.01
KL24-11 390.5 393.5 1.62 16200 2.06 3.3 116 16 5 14 1 31 0.01 20.2 81 0.01
KL24-11 393.5 396.5 1.35 13500 1.8 1.9 156 21 41 32 0.01 37 0.3 24.5 70 0.2
KL24-11 396.5 399.5 1.07 10700 0.76 1.3 281 14 2 179 0.01 24 0.01 11.0 76 0.01
KL24-11 399.5 402.5 0.163 1630 0.16 0.1 63 13 2 19 1 13 0.4 4.8 74 0.01
KL24-11 402.5 405.5 2.06 20600 0.53 7.2 125 128 210 15 8 17 6.8 43.0 208 0.12
KL24-11 405.5 408.5 3.26 32600 1.83 7.5 209 115 48 14 6 12 9.3 27.5 272 0.01
KL24-11 408.5 411.5 2.35 23500 1.62 7 81 50 24 13 5 17 10.3 34.5 190 0.01
KL24-11 411.5 414.5 0.95 9500 0.49 1.2 67 13 10 30 1 14 0.2 5.3 83 0.01
KL24-11 414.5 416.2 0.62 6200 0.37 1 50 20 12 143 1 9 0.2 5.5 123 0.01



Appendix V - 101 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL24-11 416.2 418.2 0.29 2900 0.15 0.1 34 8 5 136 1 9 0.2 6.5 110 0.01
KL24-11 418.2 420 0.448 4480 0.35 0.8 32 10 4 79 1 10 0.01 6.5 96 0.01
KL24-11 420 421.5 0.82 8200 0.57 1.3 32 8 4 81 0.01 8 0.01 8.0 121 0.01
KL24-11 421.5 423.5 0.434 4340 0.25 0.8 35 17 5 102 2 9 0.4 15.7 141 0.01
KL24-11 423.5 426.5 0.69 6900 0.39 0.9 53 17 9 32 3 10 1 12.3 168 0.01
KL24-11 426.5 429.5 0.81 8100 0.87 1.2 64 12 4 44 1 14 0.3 8.0 143 0.01
KL24-11 429.5 432.5 0.92 9200 1.08 1.2 53 9 4 24 1 9 0.01 7.8 110 0.01
KL24-11 432.5 435.5 0.362 3620 0.39 0.1 33 12 3 69 1 6 0.01 5.0 108 0.01
KL24-11 435.5 438.5 0.58 5800 0.38 0.9 53 19 3 54 0.01 10 0.2 7.8 101 0.01
KL24-11 438.5 441.5 0.64 6400 0.59 1.3 88 26 8 53 1 10 0.7 10.6 135 0.01
KL24-11 441.5 444.5
KL24-11 444.5 447.5
KL24-11 447.5 450.5
KL24-11 450.5 453.5
KL24-11 453.5 456.5
KL24-11 456.5 459.5
KL24-11 459.5 462.5
KL24-11 462.5 465.5
KL24-11 465.5 468.5
KL24-11 468.5 471.5
KL24-11 471.5 474.5
KL24-11 474.5 477.5
KL24-11 477.5 480.5
KL24-11 480.5 483.5
KL24-11 483.5 486.5
KL24-11 486.5 489.5
KL24-11 489.5 492.5
KL24-11 492.5 495.5
KL24-11 495.5 498.5
KL24-11 498.5 501.5
KL24-11 501.5 504.5
KL24-11 504.5 507.5
KL24-11 507.5 510.5
KL24-11 510.5 513.5
KL24-11 513.5 514.5
KL24-11 514.5 516.5
KL24-11 516.5 517.5
KL24-11 517.5 519.5
KL24-11 519.5 522.5
KL24-11 522.5 525.5
KL24-11 525.5 528.5
KL24-11 528.5 531.5
KL24-11 531.5 540.5
KL24-11 540.5 542.5
KL24-11 542.5 544.7
KL24-11 544.7 546.5
KL24-11 546.5 549.5
KL24-11 549.5 552.5
KL24-11 552.5 555.5
KL24-11 555.5 558.5
KL24-11 558.5 561.5
KL24-11 561.5 564.5
KL24-11 564.5 585.5
KL24-11 585.5 606.5
KL24-11 606.5 648.5
KL26-01 0 2.9 0.0028 28 0.01 0.1 84 51 6 3 0.01 1 1.5 1.3 20 0.01
KL26-01 2.9 5.9 0.0013 13 0.01 0.1 26 16 8 1 0.01 1 0.3 1.5 23 0.01
KL26-01 5.9 8.9 0.0012 12 0.01 0.1 18 10 5 2 0.01 2 0.01 0.0 35 0.01
KL26-01 8.9 11.9 0.0014 14 0.01 0.1 25 18 5 2 0.01 2 0.01 0.0 28 0.01
KL26-01 11.9 14.9 0.001 10 0.01 0.1 41 16 6 2 0.01 1 0.01 0.6 30 0.01
KL26-01 14.9 17.9 0.0009 9 0.01 0.1 21 13 4 1 0.01 1 0.01 0.0 30 0.01
KL26-01 17.9 20.9 0.0007 7 0.01 0.1 40 13 4 1 0.01 1 0.01 0.6 25 0.01
KL26-01 20.9 23.9 0.0007 7 0.01 0.1 30 20 3 1 0.01 1 0.01 0.0 48 0.01



Appendix V - 102 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-01 23.9 26.9 0.0013 13 0.01 1.2 77 880 11 2 0.01 1 2.5 2.8 71 0.01
KL26-01 26.9 29.9 0.0012 12 0.01 0.1 53 57 14 4 0.01 4 1.1 1.5 110 0.01
KL26-01 29.9 35.9 0.0098 98 0.1 7.2 2310 1800 21 3 1 1 4.7 9.1 52 0.01
KL26-01 35.9 40.3 0.0082 82 0.06 9.2 750 8300 56 16 4 1 7.3 17.0 28 0.01
KL26-01 40.3 43.4 0.0019 19 0.04 1.5 103 2950 10 9 0.01 1 1.8 3.6 116 0.01
KL26-01 43.4 46.4 0.0023 23 0.04 1.1 121 2140 18 8 0.01 1 3.4 1.0 93 0.01
KL26-01 46.4 49.4 0.002 20 0.03 0.7 118 1320 11 6 0.01 1 1.5 0.6 93 0.01
KL26-01 49.4 52.4 0.0012 12 0.01 1.1 86 1610 15 14 0.01 1 4.8 0.0 73 0.01
KL26-01 52.4 53.9 0.001 10 0.01 1.2 130 2020 10 8 0.01 1 2.9 0.9 100 0.01
KL26-01 53.9 56.9 0.001 10 0.01 1.4 136 1110 12 6 0.01 1 2.1 0.0 70 0.01
KL26-01 56.9 58.4 0.0007 7 0.02 1.3 129 800 13 5 0.01 1 2.7 0.0 64 0.01
KL26-01 58.4 61.4 0.001 10 0.01 0.9 92 178 10 6 0.01 1 1.8 0.0 51 0.01
KL26-01 61.4 64.4 0.0011 11 0.03 1.1 99 351 17 13 1 1 1.8 0.0 42 0.01
KL26-01 64.4 67.4 0.0025 25 0.01 4.6 3390 2920 38 6 0.01 1 4.9 11.6 27 0.01
KL26-01 67.4 69.5 0.0013 13 0.02 1.1 198 450 38 5 0.01 1 1.7 0.0 31 0.01
KL26-01 69.5 71.9 0.0031 31 0.08 2.6 190 820 36 8 0.01 1 4.7 0.8 36 0.01
KL26-01 71.9 73.7 0.0034 34 0.01 5.2 1960 3820 4 7 1 1 4.3 2.4 25 0.01
KL26-01 73.7 76.4 0.0025 25 0.01 7.2 109 1800 12 5 9 1 1.3 1.7 19 0.01
KL26-01 76.4 79.4 0.0018 18 0.01 4.6 70 920 16 11 7 1 0.7 1.4 16 0.01
KL26-01 79.4 81.9 0.001 10 0.04 0.1 129 130 5 6 0.01 1 0.01 1.0 18 0.01
KL26-01 81.9 84.8 0.0031 31 0.01 1.8 35 117 12 2 0.01 1 0.5 0.0 18 0.01
KL26-01 84.8 87.8 0.0032 32 0.02 2.6 217 1150 11 1 0.01 1 0.8 1.4 21 0.01
KL26-01 87.8 89.9 0.0019 19 0.02 2.3 27 225 10 1 1 1 0.5 0.0 19 0.01
KL26-01 89.9 92.9 0.0036 36 0.1 8.4 670 3800 20 4 2 1 3.3 3.3 21 0.01
KL26-01 92.9 95.9 0.003 30 0.01 4.1 370 2680 8 1 1 1 2.7 1.4 25 0.01
KL26-01 95.9 98.9 0.0027 27 0.01 5.3 176 2560 7 2 1 1 2.1 1.7 25 0.01
KL26-01 98.9 101.9 0.0027 27 0.01 2.3 262 670 7 1 1 1 1.6 0.6 26 0.01
KL26-01 101.9 104.9 0.0014 14 0.01 0.8 41 276 6 1 0.01 1 0.5 0.0 26 0.01
KL26-01 104.9 107.9 0.0009 9 0.01 0.1 36 192 2 3 0.01 1 0.8 0.6 27 0.01
KL26-01 107.9 110.9 0.0025 25 0.01 2.8 125 1850 4 4 0.01 1 2.5 1.2 29 0.01
KL26-01 110.9 113.9 0.0024 24 0.01 2.5 297 910 5 4 1 1 1.1 1.3 28 0.01
KL26-01 113.9 116.9 0.0025 25 0.01 3.8 171 1010 7 9 3 1 1.5 1.4 27 0.01
KL26-01 116.9 119.9 0.0019 19 0.01 2.2 310 870 5 14 1 1 0.8 0.0 16 0.01
KL26-01 119.9 122.9 0.002 20 0.01 3.8 750 2170 7 25 1 1 1.2 1.3 18 0.01
KL26-01 122.9 128.4 0.0016 16 0.01 3.3 399 950 23 8 0.01 1 1.1 0.9 13 0.01
KL26-01 128.4 131.2 0.001 10 0.01 1.3 132 208 6 1 0.01 1 0.5 0.7 13 0.01
KL26-01 131.2 134.9 0.0033 33 0.01 1.1 64 93 4 3 0.01 1 0.2 0.0 12 0.01
KL26-01 134.9 137.9 0.0017 17 0.02 2 140 218 7 3 0.01 1 0.9 0.0 14 0.01
KL26-01 137.9 140.9 0.0013 13 0.02 2.1 126 173 11 8 0.01 1 0.6 0.6 11 0.01
KL26-01 140.9 143.9 0.0019 19 0.01 3.4 82 147 10 9 0.01 1 1 1.2 16 0.01
KL26-01 143.9 146.9 0.0065 65 0.02 31 780 4800 8 8 0.01 1 6.6 5.5 16 0.01
KL26-01 146.9 149.9 0.0058 58 0.03 5.8 1010 1260 8 9 2 1 1.8 2.8 17 0.01
KL26-01 149.9 152.9 0.002 20 0.02 1.1 480 319 3 3 0.01 1 0.4 1.0 18 0.01
KL26-01 152.9 155.9 0.0015 15 0.01 1.2 109 158 6 3 1 1 0.6 1.4 17 0.01
KL26-01 155.9 159.3 0.0014 14 0.01 0.7 103 167 6 3 0.01 1 0.6 1.3 16 0.01
KL26-01 159.3 162.2 0.0015 15 0.02 3.3 81 107 5 1 0.01 1 0.7 1.6 14 0.01
KL26-01 162.2 164.5 0.002 20 0.01 0.7 101 92 8 8 0.01 1 0.7 1.9 17 0.01
KL26-01 164.5 167.2 0.0016 16 0.01 0.6 97 57 4 4 0.01 1 0.5 1.3 17 0.01
KL26-01 167.2 170.4 0.0028 28 0.01 0.1 125 75 5 5 0.01 1 0.2 0.9 15 0.01
KL26-01 170.4 172.9 0.0055 55 0.01 0.7 178 283 8 8 0.01 1 0.5 1.5 16 0.01
KL26-01 172.9 175.9 0.0024 24 0.24 2.9 1910 1800 10 8 0.01 1 2.7 2.5 15 0.01
KL26-01 175.9 178.9 0.0141 141 0.25 17.1 4000 2000 57 36 0.01 1 5 2.9 27 0.15
KL26-01 178.9 181.4 0.0249 249 0.18 26.7 27900 14800 25 57 34 1 10.7 7.5 14 0.31
KL26-01 181.4 184.4 0.0069 69 0.11 4 4700 3130 10 20 2 2 3.5 2.1 13 0.01
KL26-01 184.4 187.4 0.0057 57 0.36 3.8 1350 1750 55 23 8 1 3.8 2.7 13 0.01
KL26-01 187.4 190.4 0.0188 188 0.34 22.3 46400 32800 31 23 16 1 12.1 18.3 14 0.23
KL26-01 190.4 193.4 0.0103 103 0.14 4.5 4100 4650 30 24 3 2 2.7 3.1 19 0.01
KL26-01 193.4 196.4 0.049 490 0.2 15.8 16500 14800 180 63 4 1 14 15.8 21 0.42
KL26-01 196.4 199.4 0.075 750 0.39 37.4 24200 33800 240 127 30 1 27 62.5 19 0.4
KL26-01 199.4 202.2 0.0279 279 0.3 8.1 3880 5320 57 56 20 3 2.3 7.6 26 0.16
KL26-01 202.2 203.9 0.438 4380 0.96 52.6 91000 33700 420 113 160 30 13 128.0 91 0.17
KL26-01 203.9 206.9 0.087 870 1.24 1.6 1040 193 76 1250 164 6 4.1 4.2 82 0.28
KL26-01 206.9 209.9 0.094 940 0.75 1.6 750 232 350 728 18 5 24 7.0 148 0.01



Appendix V - 103 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-01 209.9 212.9 0.107 1070 1.61 3 2900 374 290 2000 48 4 12.3 14.3 87 0.27
KL26-01 212.9 214.8 0.49 4900 1.03 4 5000 74 270 183 38 14 1.8 22.5 70 0.21
KL26-01 214.8 217.75 0.304 3040 1.19 2.9 95 34 200 1400 18 26 0.9 54.0 48 0.01
KL26-01 217.75 220.4 0.307 3070 1.22 2.1 115 36 410 970 14 9 0.6 12.3 49 0.01
KL26-01 220.4 223.4 0.345 3450 1.23 2.9 124 50 330 4800 70 12 0.4 13.9 57 0.16
KL26-01 223.4 226.4 0.404 4040 0.81 3.3 117 31 140 560 15 4 0.6 8.0 44 0.17
KL26-01 226.4 228.4 0.67 6700 1.03 5 132 40 90 650 7 5 1.1 8.0 48 0.25
KL26-01 228.4 230.9 1.22 12200 1 5.6 1160 119 2200 680 9 20 5.6 32.0 234 0.42
KL26-01 230.9 233.9 1.33 13300 1.64 9.2 3000 307 2600 1500 7 26 5 31.0 172 0.49
KL26-01 233.9 236.9 1.5 15000 2.24 9.4 550 80 650 828 10 16 0.6 10.8 133 0.15
KL26-01 236.9 239.9 0.06 600 1.02 1.1 228 123 81 3800 8 4 1 8.1 99 0.15
KL26-01 239.9 242.5 0.56 5600 1.88 4.3 2600 1930 110 425 7 12 1.3 22.0 126 0.11
KL26-01 242.5 243.9 1.87 18700 2.14 10.8 36400 315 110 28 11 75 0.8 66.5 136 0.18
KL26-01 243.9 247.4 2.08 20800 2.68 10.1 25800 105 370 2 37 35 1.9 59.8 132 0.51
KL26-01 247.4 250.4 1.33 13300 5.02 8.7 46900 120 350 1 122 21 2.2 68.0 154 0.4
KL26-01 250.4 252.9 0.88 8800 1.06 2.1 417 55 630 9 7 49 1.1 94.0 236 0.13
KL26-01 252.9 255.6 0.79 7900 1.4 3 344 50 480 510 0.01 36 4.7 9.5 125 0.34
KL26-01 255.6 257.9 0.87 8700 2.14 2.7 226 54 150 90 1 48 1.4 14.8 140 0.01
KL26-01 257.9 259.9 1.81 18100 2.42 6 1780 143 200 11 4 32 1.9 57.0 176 0.01
KL26-01 259.9 262.4 1.82 18200 2.44 7.1 264 24 190 34 1 35 0.9 25.5 96 0.01
KL26-01 262.4 265.4 2.73 27300 2.7 7.5 2010 381 1350 40 0.01 45 84 22.0 254 1.6
KL26-01 265.4 268.4 3.2 32000 1.86 5.4 760 298 1070 258 0.01 54 22 28.0 207 0.94
KL26-01 268.4 271.4 4.62 46200 2.26 3.9 1140 1090 310 130 0.01 59 68 42.5 228 0.37
KL26-01 271.4 273.7 7.1 71000 3.74 6 190 40 7 68 0.01 72 0.7 42.5 116 0.01
KL26-01 273.7 275.1 6.74 67400 4.65 7.5 140 22 1 156 0.01 53 0.5 38.0 201 0.01
KL26-01 275.1 278.9 1.98 19800 1.61 3.4 130 30 24 260 0.01 22 3.4 19.0 229 0.28
KL26-01 278.9 281.9 2.74 27400 1.12 6.4 2600 6200 110 223 3 30 12 14.0 224 0.74
KL26-01 281.9 284.9 0.68 6800 0.23 1.4 114 31 19 326 0.01 6 0.5 6.8 120 0.23
KL26-01 284.9 287.9 1 10000 0.21 1.7 219 52 17 201 0.01 12 0.4 7.0 102 0.44
KL26-01 287.9 290.9 1.63 16300 1.45 2.5 161 34 20 256 0.01 15 0.3 9.0 98 0.11
KL26-01 290.9 293.9 1.58 15800 1.88 1.8 740 60 180 70 0.01 29 4.1 15.0 93 0.1
KL26-01 293.9 296.9 1.67 16700 2.01 1.8 179 83 26 66 0.01 24 0.6 18.5 77 0.01
KL26-01 296.9 299.9 2.65 26500 2.55 3.3 141 50 300 23 0.01 33 0.6 18.0 142 0.01
KL26-01 299.9 302.9 1.47 14700 1.57 2.2 116 37 8 510 0.01 16 0.01 13.5 93 0.01
KL26-01 302.9 305.9 1.32 13200 0.7 2 640 126 13 232 0.01 17 0.5 10.0 100 0.17
KL26-01 305.9 308.9 2.37 23700 1.51 2.9 301 62 24 78 0.01 25 2.1 14.2 101 0.01
KL26-01 308.9 311.9 1.62 16200 1.32 2 48 26 0.01 163 0.01 29 0.01 16.5 111 0.1
KL26-01 311.9 314.9 1.31 13100 1.21 2.5 49 42 4 82 0.01 28 0.01 15.0 157 0.01
KL26-01 314.9 317.9 2.03 20300 1.05 2.1 53 66 8 84 0.01 21 0.2 15.0 181 0.01
KL26-01 317.9 320.9 1.73 17300 0.97 3.5 640 276 44 95 0.01 26 0.8 12.5 178 0.29
KL26-01 320.9 323.9 2.67 26700 1.57 3.4 580 252 220 690 0.01 33 1 21.5 123 0.24
KL26-01 323.9 325.8 2.24 22400 1.63 4.3 223 66 16 795 0.01 45 0.01 13.5 62 0.16
KL26-01 325.8 328.4 2.6 26000 1.5 2 160 15 0.01 650 0.01 23 0.01 8.3 56 0.01
KL26-01 328.4 331.4 3.25 32500 1.7 2.1 205 21 0.01 1400 0.01 56 0.01 13.3 39 0.01
KL26-01 331.4 334.4 1 10000 0.95 6.4 69 28 12 24 11 28 0.6 7.5 39 0.01
KL26-01 334.4 337.4 1.33 13300 1.23 1.5 196 31 3 603 0.01 43 0.4 10.5 78 0.01
KL26-01 337.4 340.4 3 30000 2.19 2.1 135 20 0.01 100 0.01 56 0.01 22.8 58 0.01
KL26-01 340.4 343.4 1.98 19800 1.12 2.7 97 13 0.01 703 0.01 58 0.2 10.5 39 0.01
KL26-01 343.4 346.4 2 20000 2.3 4 226 14 0.01 218 1 50 0.2 19.0 63 0.01
KL26-01 346.4 349.4 2.04 20400 3.01 7.8 340 18 3 27 4 39 0.2 23.0 38 0.01
KL26-01 349.4 350.9 1.29 12900 1.78 4 194 18 0.01 16 2 38 0.2 18.5 114 0.01
KL26-01 350.9 352.9 1.58 15800 1.74 5.2 240 19 0.01 13 0.01 24 0.3 14.5 73 0.01
KL26-01 352.9 355.4 1.48 14800 1.69 7.4 170 34 6 54 3 33 1 18.0 110 0.01
KL26-01 355.4 357.2 1.22 12200 1.44 7.1 62 23 5 76 4 31 0.3 12.5 106 0.01
KL26-01 357.2 359.9 0.98 9800 0.82 1.2 103 27 0.01 212 0.01 48 0.01 5.8 61 0.01
KL26-01 359.9 362.9 2.23 22300 1.22 11 101 30 37 382 149 47 1.3 20.0 170 0.01
KL26-01 362.9 365.9 2.98 29800 2.28 16.9 177 26 26 1270 82 91 0.6 30.0 178 0.01
KL26-01 365.9 367.4 1.51 15100 2.04 16.6 213 28 17 2900 9 31 0.4 19.5 79 0.01
KL26-01 367.4 369.7 1.4 14000 1.92 12.7 149 14 10 196 12 19 0.2 11.5 99 0.01
KL26-01 369.7 373.4 0.97 9700 0.81 5.8 225 18 10 26 8 8 0.2 9.5 68 0.01
KL26-01 373.4 376.4 0.31 3100 0.24 2.1 80 22 5 83 4 4 0.2 5.5 76 0.01
KL26-01 376.4 379.4 0.196 1960 0.24 1.2 60 28 14 95 4 3 0.01 6.5 83 0.01
KL26-01 379.4 382.4 0.62 6200 1.28 3.7 94 21 23 72 8 3 0.2 8.3 121 0.01



Appendix V - 104 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-01 382.4 385.4 0.14 1400 0.26 1 69 27 8 935 6 2 0.9 4.0 73 0.01
KL26-01 385.4 389 0.0321 321 0.11 0.1 83 26 12 910 8 1 1.6 0.8 37 0.01
KL26-01 389 391.4 0.067 670 0.08 0.1 67 27 15 250 1 7 0.3 2.3 54 0.01
KL26-01 391.4 394.4 0.032 320 0.05 0.1 30 23 12 1100 2 3 0.9 1.3 69 0.01
KL26-01 394.4 397.4 0.0062 62 0.01 0.1 20 18 6 18 0.01 1 0.01 0.0 56 0.01
KL26-01 397.4 400.4 0.0273 273 0.04 0.1 24 18 18 54 0.01 3 0.01 0.7 58 0.01
KL26-01 400.4 403.4 0.53 5300 0.45 1.6 52 16 30 118 0.01 11 0.01 5.0 55 0.01
KL26-01 403.4 405.9 0.111 1110 0.13 0.6 234 41 26 36 0.01 21 0.01 9.8 40 0.01
KL26-01 405.9 407.8 3.18 31800 2.56 26.3 680 18 44 54 6 126 0.01 21.5 39 0.01
KL26-01 407.8 411.4 1.02 10200 0.82 6.7 180 40 160 46 7 82 0.3 11.0 33 0.01
KL26-01 411.4 414.2 0.52 5200 0.94 3.2 252 16 320 10 5 23 2 9.0 50 0.01
KL26-01 414.2 417.2 1.61 16100 3.12 7.3 4300 30 330 18 34 291 1.8 18.8 39 0.01
KL26-01 417.2 419.2 4.06 40600 4.77 23.7 53400 87 770 10 70 16 4.3 49.0 34 0.01
KL26-01 419.2 420.8 3.51 35100 2.21 15.7 21000 7100 400 4 70 5 5.7 52.5 40 0.01
KL26-01 420.8 422.8 0.095 950 0.35 2.5 1210 324 120 3 4 6 3.1 20.0 40 0.01
KL26-01 422.8 425.8 0.0206 206 0.07 0.9 730 530 26 3 2 1 0.7 4.8 26 0.01
KL26-01 425.8 427.8 0.0258 258 0.05 0.1 640 51 34 2 2 2 0.4 3.3 18 0.01
KL26-01 427.8 429.3 0.0185 185 0.15 0.7 450 170 25 6 2 3 0.4 3.3 20 0.01
KL26-01 429.3 430.5 1.2 12000 2.48 10.9 18100 1100 580 22 54 150 7 70.5 60 0.01
KL26-01 430.5 433 0.011 110 0.06 0.6 870 209 24 3 5 3 0.7 3.8 21 0.01
KL26-01 433 434.8 0.0062 62 0.03 0.1 74 46 12 12 1 4 0.3 3.1 20 0.01
KL26-01 434.8 437.8 0.156 1560 0.44 4.6 3400 500 210 108 26 16 4.8 18.5 113 0.01
KL26-01 437.8 440.8 0.093 930 0.17 5.2 4100 2500 92 17 2 6 5.4 11.6 45 0.01
KL26-01 440.8 442.7 0.069 690 0.47 3.5 10300 540 110 53 16 11 1.6 10.5 49 0.01
KL26-01 442.7 445.7 0.176 1760 3.68 4.2 28300 156 270 54 140 14 4.4 12.5 67 0.12
KL26-01 445.7 448 0.0297 297 2.57 0.7 320 62 250 568 18 1 3.8 4.3 50 0.17
KL26-01 448 449.8 0.0388 388 1.24 0.7 148 76 170 1040 38 1 2.7 6.5 67 0.01
KL26-01 449.8 451.5 0.0351 351 0.31 0.1 195 56 21 382 5 2 0.3 6.3 205 0.01
KL26-01 451.5 454.5 0.0225 225 0.06 0.1 84 26 20 80 0.01 4 0.7 0.0 54 0.01
KL26-01 454.5 457.2 0.0189 189 0.14 0.1 78 28 26 925 2 2 0.6 1.5 41 0.01
KL26-01 457.2 459.1 0.0126 126 0.08 0.1 129 45 32 3400 36 4 3 4.9 46 0.01
KL26-01 459.1 462 0.0197 197 0.21 0.6 133 46 74 3600 80 4 3.2 6.4 53 0.01
KL26-01 462 464.2 0.31 3100 2.38 15.2 1570 110 820 3160 190 7 10.1 8.5 40 0.01
KL26-01 464.2 467 0.0335 335 0.38 5 13400 3000 240 36 14 4 4.1 9.5 26 0.01
KL26-01 467 468.7 0.0217 217 0.24 2.6 9500 2100 110 19 5 2 3.2 5.3 18 0.01
KL26-01 468.7 470.8 0.0069 69 0.05 0.1 92 45 16 24 0.01 2 0.4 0.8 22 0.01
KL26-01 470.8 473.8 0.0021 21 0.07 0.1 64 26 9 4 0.01 3 0.2 0.8 16 0.01
KL26-01 473.8 476.8 0.0028 28 0.05 0.1 93 37 11 6 0.01 2 0.4 1.0 24 0.01
KL26-01 476.8 479.8 0.092 920 0.17 2 690 160 40 24 3 5 0.9 3.0 44 0.01
KL26-01 479.8 482.8 0.0061 61 0.15 0.1 84 32 11 8 1 5 0.3 0.0 20 0.01
KL26-01 482.8 484.8 0.004 40 0.06 0.1 67 80 13 7 0.01 4 0.4 0.8 23 0.01
KL26-01 484.8 487.8 0.0038 38 0.07 1.2 450 361 16 7 16 4 0.4 1.3 18 0.01
KL26-01 487.8 490.7 0.0105 105 0.03 0.1 338 212 9 9 2 3 0.3 1.3 14 0.01
KL26-01 490.7 493.7 0.0042 42 0.06 0.1 218 104 4 5 1 4 0.01 2.3 16 0.01
KL26-01 493.7 496.6 0.056 560 0.04 0.7 285 184 31 2 5 4 0.4 2.5 16 0.01
KL26-01 496.6 498.3 0.27 2700 0.09 34.5 16200 13200 340 7 150 3 2 18.0 34 0.01
KL26-02 0 3.1 0.0044 44 0.03 0.1 51 34 4 2 0.01 1 1.6 2.6 28 0.01
KL26-02 3.1 6.1 0.0101 101 0.02 2.2 430 182 14 7 3 1 2.2 3.8 27 0.01
KL26-02 6.1 9.1 0.0108 108 0.01 0.1 37 41 4 16 0.01 1 5.9 1.3 39 0.01
KL26-02 9.1 12.1 0.008 80 0.01 0.1 38 30 4 1 0.01 1 0.4 1.6 36 0.01
KL26-02 12.1 15.1 0.003 30 0.01 0.1 31 20 1 3 0.01 1 0.4 1.1 29 0.01
KL26-02 15.1 18.1 0.004 40 0.01 0.1 24 21 2 3 0.01 1 0.01 1.2 31 0.01
KL26-02 18.1 21.1 0.002 20 0.01 0.1 28 15 2 3 0.01 1 0.01 1.5 26 0.01
KL26-02 21.1 22.6 0.0015 15 0.01 0.1 51 23 3 1 0.01 1 0.01 1.6 24 0.01
KL26-02 22.6 26 0.0037 37 0.01 0.1 450 1160 5 6 0.01 3 1 3.7 26 0.01
KL26-02 26 28.6 0.0184 184 0.01 0.1 500 400 8 10 0.01 5 1.1 2.7 108 0.01
KL26-02 28.6 31.3 0.0504 504 0.01 3.4 3950 3320 21 16 0.01 7 2.9 19.2 134 0.01
KL26-02 31.3 33.1 0.086 860 0.16 57.6 26100 26800 45 20 46 1 23 109.0 72 0.01
KL26-02 33.1 34.7 0.0162 162 0.17 15.9 4710 6400 99 24 6 1 6.1 27.0 32 0.01
KL26-02 34.7 37.6 0.0091 91 0.75 61.6 470 11600 16 17 88 1 3.3 275.0 27 0.01
KL26-02 37.6 40.6 0.0301 301 0.16 7.6 295 6700 31 16 10 3 4.2 7.1 67 0.01
KL26-02 40.6 43.6 0.0333 333 0.1 21.3 2200 15500 11 18 23 1 5.9 68.0 36 0.01
KL26-02 43.6 47.1 0.0138 138 0.05 1.5 84 1540 13 25 0.01 1 2.5 1.2 34 0.01



Appendix V - 105 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-02 47.1 49.6 0.0157 157 0.04 1.2 107 1410 7 14 0.01 1 2.9 0.6 46 0.01
KL26-02 49.6 51.5 0.0145 145 0.32 2.6 124 1990 24 16 0.01 1 2.6 1.9 37 0.01
KL26-02 51.5 54.1 0.0208 208 0.16 5.4 300 7400 36 17 1 1 7.5 3.0 38 0.01
KL26-02 54.1 57.1 0.0171 171 0.01 1.7 112 1240 14 7 0.01 1 3.6 0.7 23 0.01
KL26-02 57.1 60.1 0.015 150 0.04 2.4 98 520 14 4 2 1 3.5 0.0 20 0.01
KL26-02 60.1 63.1 0.0074 74 0.02 2.6 178 1740 12 11 2 1 3.5 0.5 21 0.01
KL26-02 63.1 66.1 0.0051 51 0.02 1.8 254 990 22 8 1 1 3.2 0.0 19 0.01
KL26-02 66.1 67.5 0.0057 57 0.01 1.1 146 440 23 14 0.01 1 2.5 0.0 24 0.01
KL26-02 67.5 70.6 0.0025 25 0.09 1.5 385 810 12 1 0.01 1 1.4 0.7 14 0.01
KL26-02 70.6 73.6 0.0097 97 0.03 4 1720 3420 10 6 0.01 1 2.6 1.4 34 0.01
KL26-02 73.6 76.6 0.0037 37 0.02 3 500 1340 2 2 1 1 1.2 1.0 25 0.01
KL26-02 76.6 79.6 0.0021 21 0.02 2.2 378 1560 0.01 3 0.01 1 1.2 1.0 18 0.01
KL26-02 79.6 82.6 0.0029 29 0.02 2.6 198 1140 8 4 0.01 1 2 0.9 22 0.01
KL26-02 82.6 85.6 0.0017 17 0.01 1.3 127 580 1 1 0.01 1 1.2 1.0 22 0.01
KL26-02 85.6 88.6 0.0038 38 0.01 2.4 530 1260 3 4 0.01 1 1.9 1.7 19 0.01
KL26-02 88.6 91.6 0.0014 14 0.01 1.8 107 960 0.01 1 0.01 1 1.3 0.9 24 0.01
KL26-02 91.6 96.1 0.0017 17 0.01 1.5 152 760 2 1 0.01 1 1.3 0.8 26 0.01
KL26-02 96.1 99.1 0.0228 228 0.02 1.1 64 389 3 4 0.01 1 0.8 1.3 28 0.01
KL26-02 99.1 102.1 0.0068 68 0.01 4.3 370 870 17 3 0.01 1 4.8 2.0 30 0.01
KL26-02 102.1 105.1 0.0124 124 0.01 1.1 157 265 1 3 0.01 1 0.5 0.0 22 0.01
KL26-02 105.1 108.1 0.0055 55 0.01 1.8 340 530 4 3 0.01 1 1.5 0.8 24 0.01
KL26-02 108.1 111.1 0.0057 57 0.01 4.5 380 660 9 3 0.01 2 2.4 1.2 26 0.01
KL26-02 111.1 117.1 0.0063 63 0.03 10 1130 1540 28 13 0.01 3 4.2 4.6 35 0.01
KL26-02 117.1 120.1 0.0066 66 0.01 3.4 408 890 6 15 0.01 1 2.9 0.9 34 0.01
KL26-02 120.1 124.3 0.0043 43 0.01 2.1 121 191 5 6 0.01 1 1.7 0.6 18 0.01
KL26-02 124.3 127.6 0.0034 34 0.01 2.6 116 250 7 13 0.01 1 1.4 1.4 14 0.01
KL26-02 127.6 130.6 0.0027 27 0.01 1.9 135 158 6 15 0.01 2 0.7 0.6 15 0.01
KL26-02 130.6 133.6 0.0246 246 0.09 13.5 345 430 220 9 2 4 6.1 10.1 26 0.01
KL26-02 133.6 136.6 0.0013 13 0.01 1.2 82 75 6 7 0.01 1 2.1 0.7 16 0.01
KL26-02 136.6 139.6 0.0016 16 0.01 1.5 204 253 3 3 0.01 1 0.4 0.8 13 0.01
KL26-02 139.6 142.6 0.0019 19 0.01 0.9 60 166 3 3 0.01 1 0.2 0.9 14 0.01
KL26-02 142.6 145.6 0.0012 12 0.01 0.7 150 152 5 5 0.01 1 0.01 0.7 12 0.01
KL26-02 145.6 148.6 0.0012 12 0.01 1 74 170 11 6 0.01 1 0.6 0.8 15 0.01
KL26-02 148.6 151.6 0.0037 37 0.01 1.5 188 187 7 3 0.01 1 0.5 1.3 15 0.01
KL26-02 151.6 153.6 0.0026 26 0.02 5.4 1180 1260 17 2 0.01 1 1.5 2.3 18 0.01
KL26-02 153.6 160.6 0.0023 23 0.01 1.5 214 530 19 3 0.01 1 1.3 2.8 20 0.01
KL26-02 160.6 163.6 0.0013 13 0.01 1 112 202 6 5 0.01 1 0.4 0.9 16 0.01
KL26-02 163.6 166.6 0.0013 13 0.01 1.1 242 139 9 4 0.01 1 0.3 1.3 18 0.01
KL26-02 166.6 169.6 0.0024 24 0.01 1.3 1040 365 8 5 0.01 1 0.7 2.8 17 0.01
KL26-02 169.6 172.6 0.0018 18 0.01 0.8 107 78 2 4 0.01 1 0.4 1.3 16 0.01
KL26-02 172.6 175.6 0.0026 26 0.01 0.6 241 175 7 4 0.01 1 0.8 1.7 17 0.01
KL26-02 175.6 178.6 0.0021 21 0.01 0.1 80 78 4 3 0.01 3 0.4 1.3 18 0.01
KL26-02 178.6 182.1 0.0165 165 0.01 0.6 187 385 4 11 0.01 2 0.5 1.2 12 0.01
KL26-02 182.1 184.6 0.0185 185 0.08 26.8 1280 6800 65 36 146 2 5.3 80.0 32 0.01
KL26-02 184.6 187.6 0.0076 76 0.04 1.3 620 470 8 8 0.01 1 1.3 2.5 14 0.01
KL26-02 187.6 191.4 0.0072 72 0.03 1.2 1320 1210 6 16 1 1 1.5 1.6 16 0.01
KL26-02 191.4 194.2 0.0071 71 0.04 0.6 870 810 5 10 0.01 1 0.6 1.5 14 0.01
KL26-02 194.2 198.1 0.0067 67 0.08 1.1 1050 1970 10 16 0.01 1 1.9 2.6 15 0.01
KL26-02 198.1 201.1 0.015 150 0.33 4.5 1640 1570 60 13 1 1 8.6 4.4 16 0.18
KL26-02 201.1 204.1 0.0047 47 0.04 0.9 710 780 10 14 1 1 1 1.4 12 0.01
KL26-02 204.1 207.1 0.008 80 0.03 1.6 1660 1590 16 29 1 1 2.2 3.4 12 0.01
KL26-02 207.1 210.1 0.0158 158 0.03 3.4 2440 2310 29 32 4 1 3.6 3.1 13 0.01
KL26-02 210.1 212.8 0.066 660 0.09 15.7 7800 14500 85 149 13 1 20.3 13.0 19 0.01
KL26-02 212.8 216 0.0236 236 0.07 14.6 1050 2740 47 154 42 2 2.6 27.0 16 0.01
KL26-02 216 217.7 0.0353 353 0.94 50 2010 6500 32 3240 1130 3 0.9 56.0 109 0.01
KL26-02 217.7 220.6 0.29 2900 0.37 7.8 11600 890 42 2780 55 10 1.5 5.2 130 0.01
KL26-02 220.6 223.6 0.0376 376 0.24 1.6 580 200 37 1430 4 4 0.9 3.3 77 0.25
KL26-02 223.6 226.6 0.0973 973 0.27 3.4 2630 422 38 860 80 3 0.8 7.8 54 0.01
KL26-02 226.6 228.6 0.146 1460 0.68 4.7 5100 185 42 1000 48 7 0.8 11.3 51 0.01
KL26-02 228.6 231.1 0.21 2100 1.21 3.9 10400 228 390 1200 74 13 5.2 22.6 95 0.3
KL26-02 231.1 234.1 0.43 4300 1.58 16.1 8300 328 1100 2580 117 43 27 16.2 99 0.18
KL26-02 234.1 237.1 0.28 2800 1.17 30.9 14500 6300 99 1860 118 41 3 71.0 77 0.01
KL26-02 237.1 238.6 0.49 4900 2.08 7.3 11900 350 56 263 79 16 3 70.0 56 0.01



Appendix V - 106 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-02 238.6 240.9 0.26 2600 1.89 3.8 12600 54 220 1100 74 17 4.3 39.5 36 0.01
KL26-02 240.9 243.1 0.33 3300 1.3 4.8 22600 78 210 110 45 20 4.3 50.0 32 0.01
KL26-02 243.1 246.1 0.59 5900 1.24 5.4 28200 530 52 402 60 36 1.2 41.0 54 0.01
KL26-02 246.1 249.1 0.271 2710 0.69 2.2 261 52 95 3100 50 10 1.7 8.5 50 0.01
KL26-02 249.1 252.1 0.66 6600 1.2 8 1440 121 78 1290 6 35 0.5 15.8 64 0.01
KL26-02 252.1 255.1 2.37 23700 4.01 38.7 86000 20 36 820 119 165 1.4 44.8 56 0.1
KL26-02 255.1 258.1 0.84 8400 1.07 3.4 2400 125 28 105 3 57 1 13.5 25 0.1
KL26-02 258.1 261.1 0.77 7700 3.38 10.8 37200 6500 230 95 52 38 108 29.4 54 0.47
KL26-02 261.1 264.1 0.73 7300 5.36 3.5 1360 70 23 278 5 36 2 19.0 40 0.14
KL26-02 264.1 267.1 2.33 23300 4.61 24.2 1260 9900 360 138 90 30 18.5 83.3 136 0.01
KL26-02 267.1 270.1 1.32 13200 1.44 2.9 100 78 26 365 0.01 42 4.5 14.5 142 0.1
KL26-02 270.1 273.1 6.46 64600 3.72 17.3 180 84 180 1200 1 49 9.2 15.6 135 0.29
KL26-02 273.1 276.1 6.47 64700 10 31.4 316 149 960 280 1 50 48 14.4 191 1.06
KL26-02 276.1 279.1 7.65 76500 9.75 9.5 163 18 4 55 226 45 0.7 17.5 112 0.01
KL26-02 279.1 282.1 6.6 66000 6.41 15.8 720 287 1200 92 3 50 106 12.5 94 0.01
KL26-02 282.1 285.1 3.53 35300 5.51 3.5 142 43 11 108 1 37 2.4 25.0 206 0.01
KL26-02 285.1 286.5 3.97 39700 4.01 23.5 560 149 410 26 1 42 16.5 23.0 104 0.16
KL26-02 286.5 289.6 1.82 18200 0.78 2.6 271 67 38 204 1 17 0.01 7.0 62 0.01
KL26-02 289.6 292.6 2.06 20600 2.4 4.1 90 125 64 190 1 13 2.2 11.5 178 0.01
KL26-02 292.6 295.6 2.16 21600 2.33 5.2 1140 440 850 56 2 14 50 21.0 275 0.24
KL26-02 295.6 298.6 1.77 17700 1.49 4.3 210 80 65 95 1 11 1.4 10.0 173 0.18
KL26-02 298.6 301.6 2.24 22400 2.24 3.8 120 32 5 80 1 14 0.5 16.0 117 0.01
KL26-02 301.6 304.6 2.17 21700 1.4 3.6 104 34 48 134 1 21 0.01 15.0 162 0.01
KL26-02 304.6 307.6 1.22 12200 0.63 2 147 75 8 126 0.01 10 0.6 13.0 112 0.01
KL26-02 307.6 310.6 1.87 18700 1.03 2.8 248 77 9 108 1 8 0.3 9.5 72 0.01
KL26-02 310.6 313.6 2.11 21100 1.77 3.2 55 12 0.01 57 0.01 15 0.3 10.0 91 0.01
KL26-02 313.6 316.6 2.26 22600 3.11 3.5 44 14 0.01 107 1 12 0.01 19.0 75 0.01
KL26-02 316.6 319.6 1.69 16900 1.27 2.7 42 16 0.01 79 1 11 0.01 9.0 61 0.01
KL26-02 319.6 322.6 1.94 19400 1.89 3.2 56 16 2 34 1 14 0.4 9.0 57 0.01
KL26-02 322.6 325.6 2.43 24300 1.18 4.6 57 17 3 86 1 14 0.4 12.0 51 0.01
KL26-02 325.6 328.6 2.25 22500 0.59 3 53 19 2 81 1 15 0.6 16.5 81 0.01
KL26-02 328.6 331.6 2.36 23600 1.17 3.9 30 10 1 155 0.01 13 0.3 15.0 92 0.01
KL26-02 331.6 334.6 2.09 20900 1.45 3.2 32 8 0.01 132 1 9 0.01 8.0 130 0.01
KL26-02 334.6 337.6 1.87 18700 1.25 3.2 42 10 4 113 1 10 0.4 7.5 110 0.01
KL26-02 337.6 340.6 1.57 15700 0.89 2.4 36 10 0.01 91 0.01 13 0.01 12.0 218 0.01
KL26-02 340.6 343.6 2.03 20300 0.96 3.5 212 117 300 229 1 14 3.4 6.5 69 0.01
KL26-02 343.6 346.6 2.61 26100 1.11 1.5 40 12 1 70 1 13 0.2 17.5 85 0.01
KL26-02 346.6 349.6 2.32 23200 1.39 3.2 56 17 1 860 1 16 0.2 22.0 95 0.01
KL26-02 349.6 352.6 1.8 18000 0.83 2.8 32 16 0.01 680 1 15 0.01 10.5 56 0.01
KL26-02 352.6 355.6 1.78 17800 1.21 3.3 66 34 4 133 1 12 0.6 8.0 54 0.01
KL26-02 355.6 358.6 1.35 13500 0.91 1.6 19 9 0.01 57 1 11 0.2 11.0 41 0.01
KL26-02 358.6 363 1.09 10900 0.72 1.7 36 13 1 50 1 12 0.01 7.0 34 0.01
KL26-02 363 366 1.51 15100 0.84 2.3 38 13 0.01 185 2 15 0.01 8.5 56 0.01
KL26-02 366 367.7 2.49 24900 1.84 4.1 34 14 1 40 6 11 0.01 16.5 71 0.01
KL26-02 367.7 372 1.76 17600 1.29 3.7 219 87 34 120 1 13 3.3 8.5 71 0.01
KL26-02 372 375 0.99 9900 0.96 6.2 4200 3300 97 470 1 13 15.1 10.0 39 0.01
KL26-02 375 378 1.77 17700 1.59 34.8 32000 16300 1750 680 2 14 110 12.7 34 0.95
KL26-02 378 381 1.61 16100 1.43 34.5 28300 14900 1800 660 1 16 130 12.5 70 1.38
KL26-02 381 384 1.65 16500 1.35 10.5 3900 2200 210 144 1 21 13.6 13.5 79 0.1
KL26-02 384 387 1.61 16100 1.27 4.8 356 172 170 146 0.01 42 3 9.3 61 0.01
KL26-02 387 390 1.62 16200 1.35 2.8 351 151 35 27 1 23 1.8 8.0 98 0.01
KL26-02 390 393 2.2 22000 1.71 6 560 340 810 24 1 22 11.3 11.0 84 0.01
KL26-02 393 396 2.29 22900 1.35 2.8 660 287 270 24 1 28 3 20.0 74 0.01
KL26-02 396 398.4 2.58 25800 3.13 3.7 1180 530 83 22 6 25 6.5 20.0 64 0.01
KL26-02 398.4 402 1.2 12000 0.51 3.7 2120 336 370 120 1 6 18.8 11.5 36 0.25
KL26-02 402 405 1.06 10600 0.38 23.1 5000 2500 1500 67 5 7 255 8.0 24 1.32
KL26-02 405 408 0.59 5900 0.23 6.1 626 168 610 68 0.01 8 41 6.0 27 0.12
KL26-02 408 411 0.7 7000 0.23 3.7 303 354 230 83 0.01 6 18 7.0 41 0.01
KL26-02 411 414 1.07 10700 0.31 4.2 285 182 340 84 0.01 10 13 11.3 53 0.01
KL26-02 414 417 0.66 6600 0.52 1.4 112 68 17 114 0.01 12 0.9 7.2 61 0.01
KL26-02 417 420 0.99 9900 0.56 1.8 167 122 12 143 0.01 10 0.5 9.0 50 0.01
KL26-02 420 423 1.65 16500 0.28 12.4 1870 3900 380 400 1 13 61 11.0 53 0.3
KL26-02 423 426 0.9 9000 0.33 19.4 17300 16300 1200 102 3 7 160 10.5 64 2.68



Appendix V - 107 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-02 426 429 1.01 10100 0.31 1.9 1390 290 47 203 1 9 2.4 9.3 61 0.01
KL26-02 429 432 1.3 13000 0.45 2.3 600 720 14 219 0.01 13 2.8 7.3 76 0.01
KL26-02 432 435 1.16 11600 0.39 2 1000 650 150 230 0.01 12 2.1 9.3 90 0.01
KL26-02 435 437.5 1.31 13100 0.58 2 300 280 110 275 0.01 15 1.7 8.8 70 0.1
KL26-02 437.5 441 1.24 12400 0.69 2.4 2040 960 410 197 0.01 15 14 9.0 86 0.12
KL26-02 441 444 1.09 10900 0.55 2.4 368 450 130 207 0.01 11 7.4 9.0 60 0.01
KL26-02 444 447 0.61 6100 0.25 1.8 245 81 10 206 0.01 10 0.8 7.8 92 0.01
KL26-02 447 450 0.78 7800 0.33 2.5 1150 1030 120 317 0.01 13 9.8 7.8 100 0.01
KL26-02 450 453 1.46 14600 0.64 2.2 76 14 2 412 0.01 20 0.3 9.8 106 0.01
KL26-02 453 455.5 0.92 9200 0.36 1.2 110 14 3 300 0.01 16 0.3 8.5 354 0.01
KL26-02 455.5 459 0.69 6900 0.48 1.1 125 34 19 210 0.01 12 0.6 7.5 231 0.01
KL26-02 459 462 1.2 12000 0.5 1.4 282 112 76 470 0.01 15 1.8 8.0 304 0.01
KL26-02 462 465 1.37 13700 0.72 1.5 66 12 19 241 0.01 18 0.3 10.0 281 0.01
KL26-02 465 466.3 1.61 16100 0.84 2.3 192 25 5 315 0.01 20 0.3 13.0 340 0.01
KL26-02 466.3 468 3.1 31000 1.5 4 215 37 20 640 0.01 48 0.4 18.0 236 0.01
KL26-02 468 470 2.01 20100 1.37 4.6 249 80 380 440 0.01 15 17.9 13.0 251 0.01
KL26-02 470 471.5 2.62 26200 1.27 3.3 93 16 33 260 0.01 29 1.9 14.0 305 0.01
KL26-02 471.5 474.2 3.54 35400 2.08 4.5 112 15 9 93 0.01 40 0.5 21.0 214 0.01
KL26-02 474.2 477 1.3 13000 0.71 2.1 73 26 4 254 0.01 17 0.5 10.0 273 0.01
KL26-02 477 480.6 1.27 12700 0.75 2 105 40 3 300 0.01 19 0.4 10.3 301 0.01
KL26-02 480.6 482.8 2.02 20200 1.29 3.6 151 26 6 273 0.01 34 0.01 16.5 207 0.01
KL26-02 482.8 486 1.46 14600 0.74 2.9 293 63 9 307 0.01 24 0.6 14.5 254 0.01
KL26-02 486 488.5 1.21 12100 0.63 2 261 81 15 388 0.01 17 0.6 11.0 264 0.01
KL26-02 488.5 491.5 1.39 13900 0.67 2.1 102 17 6 287 0.01 18 0.2 10.0 290 0.01
KL26-02 491.5 494.6 1.24 12400 0.57 2.2 72 9 2 300 0.01 18 0.01 8.5 316 0.01
KL26-02 494.6 496.8 1.14 11400 0.49 2.1 106 20 2 287 0.01 17 0.01 8.5 357 0.01
KL26-02 496.8 499.3 3.61 36100 2.13 5.5 156 25 3 83 0.01 33 0.01 14.0 170 0.01
KL26-02 499.3 500.8 2.81 28100 1.37 4.6 200 95 2 102 0.01 25 0.3 10.0 134 0.01
KL26-02 500.8 503.9 1.84 18400 0.71 4.1 93 10 0.01 367 0.01 28 0.01 9.5 100 0.01
KL26-02 503.9 506.3 2.01 20100 1 2.5 71 8 0.01 347 0.01 42 0.01 8.2 60 0.01
KL26-02 506.3 508.5 0.28 2800 0.21 0.7 73 14 2 54 0.01 16 0.01 5.1 38 0.01
KL26-02 508.5 510 0.9 9000 0.6 1.5 73 9 0.01 590 0.01 36 0.01 11.1 32 0.01
KL26-02 510 513 1.27 12700 1.02 2.7 142 7 3 150 0.01 17 0.6 5.9 61 0.01
KL26-02 513 516 1.89 18900 1.22 4.1 69 6 0.01 116 1 17 0.3 12.0 46 0.01
KL26-02 516 519 0.93 9300 0.93 2.4 250 11 3 7 4 19 0.5 7.0 35 0.01
KL26-02 519 522 1.14 11400 0.66 3 76 8 0.01 5 0.01 20 0.01 6.0 24 0.01
KL26-02 522 523.9 0.429 4290 0.35 1.1 156 10 10 10 0.01 17 1 4.4 27 0.01
KL26-02 523.9 525.7 0.96 9600 0.41 2.5 116 11 4 28 0.01 32 0.01 22.5 66 0.01
KL26-02 525.7 529.1 1.38 13800 2.31 11.6 560 11 10 40 32 54 0.01 29.3 31 0.01
KL26-02 529.1 531 0.67 6700 1.12 4.1 197 14 10 21 3 32 8.2 10.3 31 0.01
KL26-02 531 534 2.21 22100 1.75 5.3 178 9 6 37 8 48 6.1 39.0 31 0.01
KL26-02 534 536.5 2.5 25000 1.71 8.4 194 8 28 38 3 89 0.01 39.5 35 0.01
KL26-02 536.5 539.5 1.74 17400 1.48 5.1 283 9 7 29 1 70 0.6 13.0 38 0.01
KL26-02 539.5 542.7 0.72 7200 0.6 2.2 210 8 5 19 1 43 0.01 8.9 37 0.01
KL26-02 542.7 545.8 1.2 12000 0.86 4 201 14 26 118 1 37 0.01 14.3 15 0.01
KL26-02 545.8 549.1 1.39 13900 0.72 3.7 147 6 20 321 1 32 0.01 13.2 11 0.01
KL26-02 549.1 552 2 20000 1.18 6.6 224 6 6 122 1 36 0.01 11.6 12 0.01
KL26-02 552 555 2.16 21600 1.84 7.8 211 6 5 139 6 40 0.01 20.5 17 0.01
KL26-02 555 558 0.75 7500 0.49 3.6 101 10 9 120 11 27 0.01 63.5 60 0.01
KL26-02 558 561 0.86 8600 2.11 5 440 7 2 16 4 32 1.6 17.0 34 0.01
KL26-02 561 564 1.05 10500 0.77 6 940 7 12 11 3 40 0.01 21.0 34 0.01
KL26-02 564 567 0.76 7600 0.53 5 1310 16 11 7 5 25 0.6 26.1 36 0.01
KL26-02 567 570 0.61 6100 0.49 6.1 690 47 27 37 44 16 0.01 14.0 17 0.01
KL26-02 570 573 0.443 4430 0.47 3.8 524 29 17 23 6 6 0.01 8.0 18 0.01
KL26-02 573 576 0.52 5200 0.38 3.2 398 12 9 37 28 11 0.2 13.1 34 0.01
KL26-02 576 579 0.52 5200 0.45 3.4 510 13 11 22 4 10 0.4 9.5 23 0.01
KL26-02 579 582 0.54 5400 0.44 2.8 416 12 18 6 2 7 0.4 7.5 26 0.01
KL26-02 582 585 0.159 1590 0.1 1 216 9 6 3 1 3 0.2 4.3 17 0.01
KL26-02 585 588 0.095 950 0.08 0.9 206 11 5 4 1 3 0.01 2.6 16 0.01
KL26-02 588 589.9 0.488 4880 0.24 2.9 532 11 13 6 3 19 0.4 20.3 27 0.01
KL26-02 589.9 592.1 0.77 7700 0.33 3.1 330 13 21 25 2 42 0.01 21.0 34 0.01
KL26-02 592.1 594 1.6 16000 0.76 3.4 338 12 1 87 0.01 62 0.4 9.8 26 0.01
KL26-02 594 597 1.4 14000 0.72 3.4 189 12 1 14 0.01 44 0.01 20.2 23 0.01



Appendix V - 108 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-02 597 600 3.59 35900 1.75 5.9 330 13 0.01 10 0.01 59 0.01 21.5 18 0.01
KL26-02 600 603 2.03 20300 1.01 3.6 221 11 0.01 4 0.01 43 0.01 16.0 24 0.01
KL26-02 603 606 1.74 17400 0.84 2.2 160 10 1 15 0.01 41 0.01 17.0 26 0.01
KL26-02 606 609 1.17 11700 0.62 2.1 122 9 3 8 0.01 36 0.01 10.5 20 0.01
KL26-02 609 612 2.1 21000 0.81 4.1 110 10 2 59 0.01 29 0.3 16.0 27 0.01
KL26-02 612 614.7 0.74 7400 0.47 2.2 95 9 5 37 0.01 13 0.4 9.3 33 0.01
KL26-02 614.7 618 0.31 3100 0.16 0.8 43 9 2 84 0.01 9 0.01 7.0 20 0.01
KL26-02 618 621 0.325 3250 0.21 1 45 10 2 48 0.01 6 0.01 5.3 20 0.01
KL26-02 621 624 0.2 2000 0.06 0.5 39 10 0.01 40 0.01 4 0.01 2.0 16 0.01
KL26-02 624 627 0.277 2770 0.08 0.7 47 13 0.01 41 0.01 15 0.5 9.5 18 0.01
KL26-02 627 630 0.469 4690 0.29 1.1 76 18 3 23 0.01 12 1.1 5.5 21 0.01
KL26-02 630 633 0.334 3340 0.15 0.7 66 10 1 26 0.01 12 0.01 4.0 43 0.01
KL26-02 633 636 0.237 2370 0.13 0.6 70 10 0.01 30 0.01 11 0.01 3.3 41 0.01
KL26-02 636 639 0.174 1740 0.09 0.5 65 13 1 121 0.01 12 0.01 4.1 41 0.01
KL26-02 639 642 0.278 2780 0.15 0.7 67 13 1 52 0.01 12 0.01 2.8 51 0.01
KL26-02 642 645 0.394 3940 0.36 1.1 71 10 2 11 0.01 9 0.3 4.8 53 0.01
KL26-02 645 648 0.62 6200 0.34 1.6 82 14 1 8 0.01 14 0.01 7.9 50 0.01
KL26-02 648 651 0.52 5200 0.24 1 96 20 16 610 0.01 11 0.6 5.8 32 0.01
KL26-02 651 653.5 0.72 7200 0.41 2 111 19 4 196 0.01 14 0.4 9.0 95 0.01
KL26-02 653.5 657 0.338 3380 0.18 0.9 334 42 62 123 0.01 9 2 7.6 116 0.01
KL26-02 657 660 0.458 4580 0.23 2.2 269 35 44 21 0.01 10 1.8 17.0 33 0.01
KL26-02 660 663 0.56 5600 0.21 1.4 123 25 6 68 0.01 8 0.6 7.6 35 0.01
KL26-02 663 666 0.21 2100 0.07 0.1 20 11 2 167 0.01 10 0.3 7.5 16 0.01
KL26-02 666 669 0.313 3130 0.23 0.9 36 9 1 43 0.01 5 0.2 4.5 17 0.01
KL26-02 669 672 0.242 2420 0.1 0.1 31 12 1 41 0.01 6 0.2 4.0 24 0.01
KL26-02 672 675 0.228 2280 0.1 1.9 504 410 97 22 2 4 12 5.1 38 0.01
KL26-02 675 678 0.303 3030 0.13 0.1 36 11 4 228 0.01 5 0.01 4.3 20 0.01
KL26-02 678 683.3 0.17 1700 0.05 0.1 18 8 0.01 61 0.01 3 0.3 2.0 24 0.01
KL26-02 683.3 686.4 0.24 2400 0.15 0.8 17 7 0.01 156 0.01 4 0.3 3.3 15 0.01
KL26-02 686.4 690 0.09 900 0.04 0.1 10 1 0.01 74 0.01 3 0.3 2.5 10 0.01
KL26-02 690 693 0.6 6000 0.17 1.2 46 10 1 1060 0.01 6 0.2 5.3 5 0.01
KL26-02 693 696 0.279 2790 0.14 0.6 65 14 12 35 0.01 12 0.01 5.5 8 0.01
KL26-02 696 699 0.391 3910 0.18 0.7 53 9 3 39 0.01 7 0.01 5.0 12 0.01
KL26-02 699 702 1.42 14200 0.56 3.2 510 113 240 134 0.01 19 4.7 13.9 28 0.01
KL26-02 702 705 1.36 13600 0.65 2.8 138 19 6 88 0.01 10 0.01 10.9 30 0.01
KL26-02 705 708.8 0.59 5900 0.3 2.2 140 11 11 19 0.01 37 8 7.3 25 0.01
KL26-02 708.8 710.5 0.17 1700 0.07 0.9 151 12 0.01 1 0.01 9 0.01 1.6 23 0.01
KL26-02 710.5 713.2 0.98 9800 0.37 6.9 570 18 4 4 0.01 16 0.01 11.0 27 0.01
KL26-02 713.2 716.9 0.464 4640 0.16 3 308 12 4 4 0.01 13 0.3 11.3 31 0.01
KL26-02 716.9 719.3 0.73 7300 0.85 2.7 161 11 8 8 3 24 0.3 15.7 50 0.01
KL26-02 719.3 722.4 1.07 10700 1.2 3.3 224 256 3 58 4 30 0.01 11.5 54 0.01
KL26-02 722.4 725.5 0.62 6200 0.24 1.5 87 26 2 76 0.01 27 0.01 7.4 28 0.01
KL26-02 725.5 728.6 0.382 3820 0.12 0.8 86 15 0.01 28 0.01 26 0.01 6.5 40 0.01
KL26-02 728.6 732 0.303 3030 0.09 0.1 80 15 1 41 0.01 23 0.01 2.8 37 0.01
KL26-02 732 735 0.81 8100 0.33 1.5 145 15 0.01 24 0.01 20 0.01 6.5 34 0.01
KL26-02 735 738 1.19 11900 0.63 3.2 245 13 1 23 0.01 28 1.2 11.9 40 0.01
KL26-02 738 741 2.12 21200 1.04 4.7 500 13 4 43 0.01 34 0.6 13.0 31 0.01
KL26-02 741 744 1.42 14200 0.73 3 185 17 6 86 0.01 33 0.3 11.0 26 0.01
KL26-02 744 747 1.05 10500 0.6 2.9 176 15 4 13 3 42 0.9 9.3 27 0.01
KL26-02 747 750 1.53 15300 0.69 3.2 162 8 4 16 2 46 0.6 9.2 29 0.01
KL26-02 750 753 1.13 11300 0.54 3 117 12 7 56 0.01 34 0.2 12.4 26 0.01
KL26-02 753 756 0.7 7000 0.39 1.5 125 12 4 27 0.01 25 0.5 8.8 31 0.01
KL26-02 756 759 0.99 9900 0.43 2.2 155 10 9 15 0.01 33 0.01 24.0 24 0.01
KL26-02 759 762 0.73 7300 0.29 1.7 101 10 1 112 0.01 25 0.9 9.7 31 0.01
KL26-02 762 765 0.501 5010 0.19 1 208 13 5 24 0.01 20 0.01 12.5 27 0.01
KL26-02 765 768 1.33 13300 0.41 2.4 178 9 1 34 0.01 26 0.01 10.4 34 0.01
KL26-02 768 771 0.73 7300 0.28 1.2 440 12 0.01 11 0.01 26 0.01 7.0 26 0.01
KL26-02 771 774 0.55 5500 0.19 1.3 95 11 0.01 17 0.01 17 0.01 7.2 24 0.01
KL26-02 774 776.5 0.56 5600 0.21 1.2 98 11 0.01 7 0.01 20 0.01 6.5 25 0.01
KL26-02 776.5 779.5 0.67 6700 0.25 1.3 173 9 3 60 0.01 20 2 7.0 95 0.01
KL26-02 779.5 782.7 1.23 12300 0.48 2.2 230 12 4 41 0.01 28 2.9 17.5 28 0.01
KL26-02 782.7 785.9 0.71 7100 0.27 1.9 297 10 3 13 0.01 23 1.1 9.4 63 0.01
KL26-02 785.9 789 0.84 8400 0.29 2.5 374 205 5 20 0.01 20 0.3 9.3 26 0.01



Appendix V - 109 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-02 789 792 0.82 8200 0.3 1.8 204 41 4 25 0.01 21 0.5 9.4 41 0.01
KL26-02 792 795 0.57 5700 0.26 1.5 164 10 4 6 0.01 22 0.5 5.8 31 0.01
KL26-02 795 798 0.65 6500 0.25 1.2 71 9 3 11 0.01 18 0.01 6.0 23 0.01
KL26-02 798 801 0.76 7600 0.25 1.2 64 9 3 50 0.01 19 0.01 8.2 27 0.01
KL26-02 801 803.7 1.02 10200 0.27 1.4 81 8 5 180 0.01 21 0.01 9.6 25 0.01
KL26-02 803.7 806 1 10000 0.33 1.7 111 9 3 8 0.01 24 0.01 6.6 26 0.01
KL26-02 806 808.8 0.489 4890 0.14 0.8 132 9 2 18 0.01 22 0.01 6.6 26 0.01
KL26-02 808.8 810.4 0.193 1930 0.05 0.5 26 5 0.01 239 0.01 15 0.01 8.2 16 0.01
KL26-02 810.4 812.5 0.503 5030 0.17 1 229 24 10 15 0.01 22 0.01 7.2 31 0.01
KL26-02 812.5 815.5 0.21 2100 0.06 0.5 41 6 0.01 23 0.01 16 0.01 4.3 30 0.01
KL26-02 815.5 818.5 0.448 4480 0.09 0.6 43 6 1 123 0.01 25 0.01 8.3 24 0.01
KL26-02 818.5 821.5 0.106 1060 0.03 0.1 33 7 6 9 0.01 10 0.01 2.8 17 0.01
KL26-02 821.5 825 0.496 4960 0.14 1.2 56 6 3 23 0.01 17 0.01 6.4 26 0.01
KL26-02 825 828 0.087 870 0.01 0.1 18 5 0.01 9 0.01 7 0.01 1.3 14 0.01
KL26-02 828 831 0.496 4960 0.11 1.2 44 1 0.01 39 0.01 19 0.01 8.8 20 0.01
KL26-02 831 834 0.118 1180 0.02 0.1 24 5 2 5 0.01 11 0.01 2.5 14 0.01
KL26-02 834 837 0.178 1780 0.05 0.1 42 6 1 4 0.01 18 0.01 3.4 13 0.01
KL26-02 837 840 0.91 9100 0.14 1.4 61 5 1 53 0.01 18 0.01 10.4 15 0.01
KL26-02 840 843 0.346 3460 0.06 0.6 64 5 3 40 0.01 18 0.01 5.1 16 0.01
KL26-02 843 846 0.37 3700 0.07 0.7 46 6 2 16 0.01 20 0.01 4.3 18 0.01
KL26-02 846 849 0.14 1400 0.02 0.1 42 5 1 4 0.01 15 0.01 3.1 22 0.01
KL26-02 849 852 0.15 1500 0.17 1.5 67 8 3 44 0.01 21 0.01 7.2 25 0.01
KL26-02 852 855 1.23 12300 0.31 2.5 118 7 2 124 0.01 37 0.01 9.4 26 0.01
KL26-02 855 858 0.287 2870 0.06 0.5 54 8 3 47 0.01 20 0.01 5.2 25 0.01
KL26-02 858 861 0.248 2480 0.06 0.5 52 8 0.01 9 0.01 22 0.01 4.2 30 0.01
KL26-02 861 864 0.398 3980 0.13 0.7 57 7 2 20 0.01 23 0.01 4.4 36 0.01
KL26-02 864 867 0.385 3850 0.18 0.7 77 9 0.01 11 0.01 16 0.01 4.0 26 0.01
KL26-02 867 870 0.473 4730 0.33 0.8 75 8 0.01 12 0.01 19 0.01 4.1 24 0.01
KL26-02 870 873 0.506 5060 0.21 1.9 126 27 8 42 0.01 32 3.2 9.4 22 0.01
KL26-02 873 875 1.67 16700 0.41 2.6 103 8 1 192 0.01 28 0.01 13.2 26 0.01
KL26-02 875 876.6 0.47 4700 0.13 0.9 43 7 1 25 0.01 13 0.01 3.1 16 0.01
KL26-02 876.6 879.3 0.274 2740 0.09 0.7 37 6 1 15 0.01 7 0.2 3.4 12 0.01
KL26-02 879.3 882 0.107 1070 0.01 0.1 35 9 1 84 0.01 5 0.01 2.0 32 0.01
KL26-02 882 885 0.2 2000 0.1 0.1 39 8 1 11 0.01 3 0.01 1.5 12 0.01
KL26-02 885 888 0.111 1110 0.03 0.1 18 5 0.01 24 0.01 7 0.01 2.9 12 0.01
KL26-02 888 891.1 0.7 7000 0.41 1.6 106 7 2 102 0.01 21 0.01 7.4 27 0.01
KL26-02 891.1 895.2 0.38 3800 0.12 1 46 6 1 71 0.01 13 0.01 3.3 25 0.01
KL26-02 895.2 897.3 0.53 5300 0.24 1.4 78 9 3 17 0.01 24 0.2 5.6 23 0.01
KL26-02 897.3 900 0.486 4860 0.09 1 36 1 4 288 0.01 13 0.01 6.8 19 0.01
KL26-02 900 903 0.345 3450 0.11 1 68 6 3 20 0.01 15 0.01 4.5 23 0.01
KL26-02 903 906 0.4 4000 0.17 1.1 46 5 3 31 0.01 19 0.01 6.3 23 0.01
KL26-02 906 909 0.23 2300 0.04 0.9 38 5 1 320 0.01 10 0.01 3.3 53 0.01
KL26-02 909 912.8 0.06 600 0.05 0.1 10 1 1 25 0.01 2 0.01 1.2 14 0.01
KL26-02 912.8 915 0.37 3700 0.2 1.1 48 6 4 25 0.01 12 0.01 4.3 23 0.01
KL26-02 915 918 0.288 2880 0.13 1 36 5 2 26 0.01 8 0.01 4.9 22 0.01
KL26-02 918 921 0.067 670 0.03 0.1 16 1 0.01 34 0.01 3 0.01 2.0 11 0.01
KL26-02 921 924 0.131 1310 0.06 0.6 26 8 2 47 0.01 4 0.01 3.1 6 0.01
KL26-02 924 927 0.122 1220 0.03 0.5 27 6 3 18 0.01 9 0.01 3.0 13 0.01
KL26-02 927 930 0.109 1090 0.06 0.5 24 5 2 8 0.01 6 0.01 1.8 13 0.01
KL26-02 930 933 0.068 680 0.01 0.5 8 1 1 6 0.01 3 0.01 1.5 7 0.01
KL26-02 933 936 0.05 500 0.01 0.1 8 5 1 30 0.01 3 0.01 1.3 12 0.01
KL26-02 936 939 0.0115 115 0.01 0.1 3 5 1 95 0.01 3 0.01 0.0 9 0.01
KL26-02 939 942 0.068 680 0.02 0.1 24 6 2 9 0.01 2 0.01 1.4 13 0.01
KL26-02 942 945 0.058 580 0.02 0.1 26 5 2 10 0.01 4 0.01 0.9 16 0.01
KL26-02 945 948 0.21 2100 0.14 0.8 38 8 3 31 0.01 5 0.01 2.4 14 0.01
KL26-02 948 951 0.0324 324 0.01 0.1 9 5 1 15 0.01 2 0.01 0.0 11 0.01
KL26-02 951 954 0.161 1610 0.14 1 56 49 3 10 1 6 0.01 3.8 17 0.01
KL26-02 954 957 0.466 4660 0.36 1.3 58 8 2 3 0.01 11 0.01 4.0 14 0.01
KL26-02 957 959.3 0.31 3100 0.26 1 52 8 3 6 0.01 10 0.01 3.8 19 0.01
KL26-02 959.3 960.9 0.65 6500 0.27 1.6 120 9 2 2 0.01 30 0.01 6.0 25 0.01
KL26-02 960.9 963 0.196 1960 0.08 0.7 46 7 3 11 0.01 11 0.01 2.3 23 0.01
KL26-02 963 967.1 0.185 1850 0.06 0.9 34 6 1 12 0.01 12 0.01 3.2 28 0.01
KL26-02 967.1 969.9 0.0055 55 0.03 0.8 39 24 12 2 0.01 4 1.1 2.7 24 0.01



Appendix V - 110 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-02 969.9 973.6 0.16 1600 0.1 0.8 1820 22 4 23 1 30 0.01 5.1 21 0.01
KL26-02 973.6 978 0.81 8100 0.25 1.8 82 6 3 24 0.01 26 0.01 7.2 18 0.01
KL26-02 978 981 0.26 2600 0.07 0.9 52 7 2 33 0.01 21 0.01 3.3 15 0.01
KL26-02 981 983.8 0.061 610 0.03 0.6 43 6 3 104 7 14 0.01 1.9 13 0.01
KL26-02 983.8 987 0.187 1870 0.07 0.7 69 9 1 113 0.01 24 0.01 2.9 17 0.01
KL26-02 987 990 0.111 1110 0.05 0.6 26 8 3 14 0.01 4 0.01 1.7 15 0.01
KL26-02 990 993 0.042 420 0.01 0.5 12 5 2 35 0.01 5 0.01 0.8 16 0.01
KL26-03 0 2.7 0.6 6000 0.19 1.6 2000 22 15 8 2 18 0.4 7.0 18 0.01
KL26-03 2.7 5.5 0.015 150 0.01 0.1 216 17 9 1 0.01 2 0.6 2.8 34 0.01
KL26-03 5.5 8.6 0.0384 384 0.05 0.1 100 17 9 1 0.01 1 1 1.8 23 0.01
KL26-03 8.6 11.7 0.0071 71 0.01 0.1 22 30 5 1 0.01 1 0.2 1.0 40 0.01
KL26-03 11.7 14.7 0.0045 45 0.03 0.1 120 38 6 1 0.01 1 1 1.5 29 0.01
KL26-03 14.7 17.7 0.0212 212 0.01 0.1 22 13 4 1 0.01 2 0.3 0.6 76 0.01
KL26-03 17.7 20.7 0.016 160 0.01 0.1 23 13 3 1 0.01 1 0.01 1.5 40 0.01
KL26-03 20.7 23.7 0.0044 44 0.01 0.1 27 18 2 1 0.01 1 0.01 1.0 30 0.01
KL26-03 23.7 26.7 0.0034 34 0.01 0.1 274 201 3 1 0.01 1 0.7 3.0 25 0.01
KL26-03 26.7 29.4 0.0099 99 0.01 0.7 1380 1080 8 1 0.01 3 2 3.8 39 0.01
KL26-03 29.4 32.7 0.008 80 0.01 0.1 132 213 11 4 1 4 1 1.5 77 0.01
KL26-03 32.7 35.7 0.58 5800 0.3 2.6 253 241 32 30 3 13 1.9 6.3 76 0.01
KL26-03 35.7 40.2 0.0342 342 0.1 15.6 11600 5900 41 10 4 1 9.4 15.6 19 0.01
KL26-03 40.2 43.2 0.15 1500 0.56 54 25500 43500 100 157 54 5 52 34.5 52 0.2
KL26-03 43.2 46.2 0.0069 69 0.22 4.2 126 3150 30 10 4 2 2.9 4.0 31 0.01
KL26-03 46.2 49.2 0.0061 61 0.08 1.9 181 3000 24 7 0.01 1 5.5 2.0 24 0.01
KL26-03 49.2 53.7 0.0141 141 0.13 6.1 119 2600 18 13 8 1 1.9 2.3 42 0.01
KL26-03 53.7 56.7 0.0119 119 0.01 1.5 800 2050 6 5 0.01 1 1.6 1.8 24 0.01
KL26-03 56.7 59.9 0.0185 185 0.04 6.3 560 4500 9 7 2 1 3.9 3.8 36 0.01
KL26-03 59.9 62.7 0.0115 115 0.01 1.7 96 600 5 6 1 1 1 0.0 26 0.01
KL26-03 62.7 65.7 0.0058 58 0.01 1.6 116 368 11 2 0.01 2 2.7 0.5 20 0.01
KL26-03 65.7 68.7 0.008 80 0.23 6.7 1600 2400 24 5 12 2 9 4.0 20 0.15
KL26-03 68.7 71.7 0.0053 53 0.04 7.2 1020 5500 20 11 10 1 5.3 3.5 11 0.01
KL26-03 71.7 74.2 0.0095 95 0.07 28.4 1920 11900 25 65 6 1 11.7 1.0 17 0.01
KL26-03 74.2 76.2 0.0055 55 0.03 5.9 820 1430 16 5 0.01 1 5.6 0.5 17 0.01
KL26-03 76.2 79.2 0.0065 65 0.04 11 860 1540 18 8 0.01 1 5.4 2.3 22 0.01
KL26-03 79.2 82.2 0.0026 26 0.02 10.7 940 1860 6 2 0.01 1 3.6 0.8 25 0.01
KL26-03 82.2 85.2 0.0067 67 0.01 19 1680 1770 15 5 1 1 10.4 3.5 20 0.01
KL26-03 85.2 88.2 0.0009 9 0.01 1.7 176 254 5 7 0.01 1 1.4 0.0 16 0.01
KL26-03 88.2 90.7 0.001 10 0.01 1.5 440 680 2 1 0.01 1 0.9 0.0 17 0.01
KL26-03 90.7 93.7 0.0012 12 0.01 1.4 350 770 4 1 0.01 1 1 0.0 22 0.01
KL26-03 93.7 96.8 0.0018 18 0.02 3.2 930 2800 2 2 1 1 1.4 0.5 16 0.01
KL26-03 96.8 99.8 0.0017 17 0.01 1.1 386 590 3 1 0.01 1 1.4 0.0 24 0.01
KL26-03 99.8 103.2 0.0005 5 0.01 0.6 129 246 2 1 0.01 1 0.6 0.0 24 0.01
KL26-03 103.2 105.6 0.0016 16 0.01 2.2 730 1060 4 1 0.01 1 0.9 0.0 20 0.01
KL26-03 105.6 109.2 0.0007 7 0.01 0.8 85 168 2 1 0.01 1 0.2 0.0 26 0.01
KL26-03 109.2 112.2 0.0014 14 0.01 2.4 490 1300 4 1 0.01 1 1.4 0.8 25 0.01
KL26-03 112.2 116.2 0.0014 14 0.02 2.7 324 460 4 3 0.01 1 0.8 0.5 26 0.01
KL26-03 116.2 120.2 0.0025 25 0.01 6.4 540 630 8 5 0.01 1 1.7 0.8 25 0.01
KL26-03 120.2 125.7 0.0039 39 0.02 6.3 490 1460 11 33 0.01 1 2.5 1.3 27 0.01
KL26-03 125.7 128.7 0.0011 11 0.01 1.7 176 278 11 4 0.01 1 0.4 0.0 25 0.01
KL26-03 128.7 131.7 0.0007 7 0.01 1.5 184 300 2 30 0.01 1 0.5 0.5 28 0.01
KL26-03 131.7 134.7 0.0007 7 0.01 1.1 148 230 1 11 0.01 1 0.3 1.0 28 0.01
KL26-03 134.7 137.7 0.0012 12 0.01 1.2 207 389 5 11 0.01 2 0.7 0.5 14 0.01
KL26-03 137.7 140.2 0.0013 13 0.01 1.7 310 346 7 14 0.01 2 1 1.2 14 0.01
KL26-03 140.2 143.4 0.002 20 0.01 2 306 223 8 19 0.01 1 1.8 0.5 13 0.01
KL26-03 143.4 147.5 0.0009 9 0.01 1.6 393 520 4 9 0.01 1 0.7 0.7 20 0.01
KL26-03 147.5 150.9 0.0023 23 0.01 3.1 1120 1020 5 6 1 1 2 1.0 15 0.01
KL26-03 150.9 155.5 0.001 10 0.01 1.1 253 321 2 2 0.01 1 0.5 0.8 15 0.01
KL26-03 155.5 159.6 0.0007 7 0.01 0.7 114 145 6 5 0.01 1 0.4 1.2 12 0.01
KL26-03 159.6 162.7 0.0006 6 0.01 0.1 95 129 2 4 0.01 1 0.01 1.0 14 0.01
KL26-03 162.7 165.7 0.0019 19 0.01 4.4 1280 1420 7 3 0.01 1 3 4.1 15 0.01
KL26-03 165.7 168.2 0.0005 5 0.01 0.7 83 132 1 1 0.01 1 0.7 0.0 13 0.01
KL26-03 168.2 170.7 0.0021 21 0.01 0.9 81 136 3 1 0.01 1 0.01 0.6 21 0.01
KL26-03 170.7 173.7 0.0014 14 0.01 1.2 640 270 3 1 0.01 1 0.01 1.0 17 0.01
KL26-03 173.7 176.7 0.0007 7 0.01 0.1 123 100 2 3 0.01 1 0.01 0.7 16 0.01



Appendix V - 111 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-03 176.7 179.7 0.0014 14 0.01 0.1 112 141 2 1 0.01 1 0.01 1.0 16 0.01
KL26-03 179.7 182.7 0.0016 16 0.01 0.7 230 276 2 3 0.01 1 0.01 1.5 15 0.01
KL26-03 182.7 185.7 0.0008 8 0.03 0.1 223 160 3 6 0.01 3 0.01 1.4 19 0.01
KL26-03 185.7 188.7 0.0004 4 0.01 0.8 470 336 2 4 0.01 3 0.01 1.5 10 0.01
KL26-03 188.7 191.5 0.0009 9 0.01 0.1 85 180 2 4 0.01 1 0.01 0.5 14 0.01
KL26-03 191.5 195.2 0.0011 11 0.04 1.1 480 800 4 2 0.01 1 1.1 0.5 10 0.01
KL26-03 195.2 198.4 0.0024 24 0.01 1.7 960 940 4 7 3 1 0.9 3.8 16 0.01
KL26-03 198.4 200.7 0.0078 78 0.03 2.4 510 1300 21 13 2 4 1.5 7.3 29 0.01
KL26-03 200.7 203.7 0.0055 55 0.04 5.4 2600 7000 13 9 4 1 3.7 20.8 20 0.01
KL26-03 203.7 206.7 0.0031 31 0.02 1.6 1470 1450 12 8 1 1 0.8 10.0 19 0.01
KL26-03 206.7 209.7 0.013 130 0.04 7.8 5100 6000 16 13 17 1 2 56.2 28 0.01
KL26-03 209.7 212.7 0.0071 71 0.05 2.2 1400 3000 10 14 2 1 1.6 14.8 23 0.01
KL26-03 212.7 215.7 0.019 190 0.03 3 1430 3200 12 7 10 1 1.4 58.2 25 0.01
KL26-03 215.7 218.7 0.008 80 0.02 0.9 460 860 15 40 2 1 1.2 9.3 18 0.01
KL26-03 218.7 221.7 0.0245 245 0.04 1.6 2500 2400 18 20 2 1 1.4 12.3 25 0.01
KL26-03 221.7 224.7 0.06 600 0.31 5.1 4800 15000 26 80 6 1 0.9 40.5 15 0.01
KL26-03 224.7 227.4 0.158 1580 0.21 15.7 21100 30100 38 95 26 4 8.6 57.0 29 0.01
KL26-03 227.4 230.7 0.51 5100 0.36 41 20700 27000 27 1410 510 11 3.7 131.0 99 0.01
KL26-03 230.7 233.7 0.0356 356 0.07 1.6 580 340 3 2075 16 1 2.3 12.8 76 0.01
KL26-03 233.7 236.7 0.0193 193 0.04 0.8 91 149 3 1040 5 1 0.01 10.4 51 0.01
KL26-03 236.7 239.7 0.025 250 0.04 0.8 460 225 10 670 156 1 0.01 6.5 68 0.01
KL26-03 239.7 242.7 0.146 1460 0.17 197 54400 26200 29 112 1370 40 3.6 300.0 36 0.01
KL26-03 242.7 245.7 0.074 740 0.06 2.6 11800 610 13 73 300 7 0.5 17.3 29 0.01
KL26-03 245.7 248.7 0.053 530 0.08 1.9 9400 168 31 157 86 6 2.7 9.3 34 0.01
KL26-03 248.7 251.7 0.29 2900 1.69 9.6 28400 590 38 200 670 14 1.8 22.5 48 0.01
KL26-03 251.7 254.7 0.76 7600 1.24 4 26000 86 27 220 72 20 1.1 40.7 25 0.01
KL26-03 254.7 257.7 0.94 9400 1.44 3.8 11600 61 29 150 48 17 0.3 22.8 27 0.01
KL26-03 257.7 260.7 0.64 6400 1.37 9.3 14500 310 16 130 260 24 0.01 60.2 29 0.01
KL26-03 260.7 263.7 0.95 9500 1.8 1.4 630 37 19 260 8 16 0.2 14.8 25 0.01
KL26-03 263.7 266.7 0.254 2540 0.22 0.6 113 53 27 990 5 4 0.01 6.0 54 0.01
KL26-03 266.7 269.6 0.245 2450 0.14 0.7 258 95 16 3175 6 7 0.3 10.6 63 0.01
KL26-03 269.6 272.6 0.433 4330 0.43 1.1 293 22 18 680 2 14 0.01 7.3 39 0.01
KL26-03 272.6 274.2 0.69 6900 0.64 5 52400 15 8 14 7 112 0.01 21.5 38 0.01
KL26-03 274.2 277.2 0.66 6600 0.47 4.9 1700 20 20 57 3 82 0.01 14.8 25 0.01
KL26-03 277.2 280.2 1.66 16600 0.93 5.4 510 10 6 850 0.01 38 0.01 17.0 24 0.01
KL26-03 280.2 283.2 2.23 22300 1.12 5.6 151 14 5 376 0.01 53 1.2 21.0 26 0.01
KL26-03 283.2 286.2 1.12 11200 0.8 1.5 440 12 11 110 1 38 0.01 11.3 22 0.01
KL26-03 286.2 289.2 0.4 4000 0.46 1.1 277 22 11 81 1 30 2.5 6.8 22 0.01
KL26-03 289.2 292.4 0.512 5120 0.53 0.5 269 80 13 34 1 39 2 6.3 22 0.01
KL26-03 292.4 295.2 0.41 4100 0.45 0.9 183 14 6 46 2 35 1 9.8 28 0.01
KL26-03 295.2 297.8 0.124 1240 0.39 0.1 274 174 11 10 1 24 0.8 2.3 20 0.01
KL26-03 297.8 301 0.83 8300 1.07 1.3 151 21 2 276 3 30 0.4 9.0 33 0.01
KL26-03 301 304.2 0.78 7800 1.11 1.1 7200 16 4 47 6 44 0.6 10.3 24 0.01
KL26-03 304.2 307.2 0.58 5800 1.63 3.8 69000 66 7 18 7 69 0.01 23.0 32 0.01
KL26-03 307.2 310.2 0.36 3600 0.61 0.6 250 18 10 50 1 28 0.2 13.0 36 0.01
KL26-03 310.2 313.2 0.8 8000 0.79 1.1 490 12 20 640 2 52 0.6 13.5 35 0.01
KL26-03 313.2 316.2 4.58 45800 1.63 4.2 124 143 2 31 1 35 0.8 11.3 30 0.01
KL26-03 316.2 319.2 3.78 37800 2.13 6.1 100 720 2 7 3 37 0.7 11.3 86 0.01
KL26-03 319.2 320.8 2.77 27700 1.32 2.9 440 23 6 36 2 29 1 11.0 106 0.01
KL26-03 320.8 324.5 0.84 8400 0.47 3.4 358 275 34 155 2 30 1.9 7.0 101 0.01
KL26-03 324.5 326.7 1.53 15300 0.84 2.9 210 26 3 2300 1 34 0.01 8.0 87 0.01
KL26-03 326.7 329.7 1.08 10800 0.67 1.2 75 34 1 260 0.01 27 0.01 3.8 126 0.01
KL26-03 329.7 332.7 1.14 11400 0.63 0.9 74 23 5 260 0.01 18 0.3 4.3 143 0.01
KL26-03 332.7 335.7 1.05 10500 0.54 2.2 202 387 38 270 0.01 17 20 4.8 102 0.01
KL26-03 335.7 338.7 1.13 11300 0.73 1.7 62 27 2 110 1 27 0.2 4.8 118 0.01
KL26-03 338.7 341.4 1.07 10700 0.55 1.9 50 41 3 217 1 17 0.01 5.8 126 0.01
KL26-03 341.4 343 1.74 17400 0.37 4.2 700 220 370 228 1 17 20 6.2 153 0.43
KL26-03 343 346.2 1.21 12100 0.74 3.1 79 39 38 190 1 24 4 8.5 124 0.01
KL26-03 346.2 349.2 1.06 10600 0.64 1.3 63 15 2 110 1 20 0.5 6.0 80 0.01
KL26-03 349.2 352.2 0.91 9100 0.65 2.2 341 209 14 53 2 18 2.4 6.3 116 0.01
KL26-03 352.2 355.2 1.02 10200 1.1 4.4 800 210 5 60 1 14 0.5 8.5 178 0.01
KL26-03 355.2 358.2 1.03 10300 0.38 1.5 73 15 3 60 1 16 0.01 5.5 131 0.01
KL26-03 358.2 361.2 0.82 8200 0.49 8.8 430 288 200 130 1 13 9.5 9.5 156 0.11



Appendix V - 112 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-03 361.2 364.2 0.9 9000 0.62 1.3 241 98 19 76 1 12 3 6.7 150 0.01
KL26-03 364.2 365.7 0.91 9100 0.58 1 57 17 3 40 2 11 0.2 6.8 135 0.01
KL26-03 365.7 368.6 1.06 10600 1.37 5.4 346 338 28 59 2 11 5.9 11.9 188 0.01
KL26-03 368.6 371.6 1.22 12200 0.84 2.2 75 60 3 270 2 11 0.01 6.3 136 0.01
KL26-03 371.6 374.6 1.44 14400 0.92 2.3 76 46 5 120 2 16 0.01 7.0 112 0.01
KL26-03 374.6 377.6 1.4 14000 0.93 3 73 33 2 61 2 13 0.01 6.4 132 0.01
KL26-03 377.6 380.6 1.07 10700 0.77 2.7 95 15 1 130 1 16 0.2 5.3 137 0.01
KL26-03 380.6 383.6 0.97 9700 0.84 2 84 35 3 34 1 13 0.01 5.2 119 0.01
KL26-03 383.6 386.6 0.86 8600 0.61 1.8 66 21 2 72 1 13 0.4 4.3 109 0.01
KL26-03 386.6 389.6 1.03 10300 0.63 2.1 58 18 3 254 1 15 0.3 4.3 93 0.01
KL26-03 389.6 392.6 0.53 5300 0.33 1.7 1110 610 4 85 0.01 9 0.4 4.0 87 0.01
KL26-03 392.6 395.6 0.8 8000 0.42 1.7 71 16 2 72 1 20 0.01 3.0 111 0.01
KL26-03 395.6 398.6 0.88 8800 0.49 1.9 127 15 6 66 0.01 18 0.01 4.3 95 0.01
KL26-03 398.6 401.6 1.37 13700 0.54 2.8 249 101 9 17 1 16 0.6 5.2 97 0.01
KL26-03 401.6 404.6 1.47 14700 0.81 2.9 176 38 15 149 1 22 10.6 4.5 92 0.01
KL26-03 404.6 407.6 0.78 7800 0.33 2.4 149 75 8 59 0.01 17 4.9 5.3 93 0.01
KL26-03 407.6 409.1 1.07 10700 0.48 2.1 161 22 4 43 0.01 19 0.5 7.0 75 0.01
KL26-03 409.1 413.6 0.85 8500 0.43 2.9 402 178 110 72 1 14 45 6.3 266 0.01
KL26-03 413.6 416.6 0.76 7600 0.18 2.1 289 110 24 35 1 10 1.7 5.8 366 0.01
KL26-03 416.6 419.6 0.78 7800 0.14 12.5 1620 1820 410 53 5 6 52 6.4 59 0.1
KL26-03 419.6 422.6 1.02 10200 0.14 9 11000 2700 220 65 5 6 21 7.0 379 0.1
KL26-03 422.6 425.4 0.87 8700 0.24 3.9 640 278 140 29 2 9 3.4 7.5 347 0.01
KL26-03 425.4 427.4 0.75 7500 0.34 1.7 50 29 16 49 1 14 1.7 4.8 52 0.01
KL26-03 427.4 430.5 1.05 10500 1.14 2.6 64 65 18 20 3 10 1.6 4.8 270 0.01
KL26-03 430.5 433.6 0.89 8900 0.52 1.7 87 86 18 18 1 10 1 7.9 307 0.01
KL26-03 433.6 436.7 1.89 18900 1.73 4.6 53 89 12 27 4 11 0.7 9.5 182 0.01
KL26-03 436.7 439.8 1.05 10500 0.22 2.7 186 142 140 27 2 4 9.8 9.5 42 0.01
KL26-03 439.8 442.9 0.76 7600 0.12 8 590 338 450 28 3 4 80 4.5 45 0.01
KL26-03 442.9 445 1 10000 0.41 62 1820 700 1210 43 7 3 1750 6.5 186 0.31
KL26-03 445 446.6 0.95 9500 1.5 63 6600 3300 2800 3 41 1 300 38.0 104 0.81
KL26-03 446.6 449.2 1.41 14100 0.25 17.1 3100 930 1230 40 7 4 178 6.5 51 0.25
KL26-03 449.2 452.2 1.32 13200 0.22 3.5 385 233 160 40 1 3 9.7 8.2 41 0.01
KL26-03 452.2 455.7 0.9 9000 0.28 3.1 480 243 77 45 1 10 4.2 7.5 38 0.01
KL26-03 455.7 458.7 0.83 8300 0.31 2.7 150 89 36 56 1 8 2.8 5.0 57 0.01
KL26-03 458.7 461.8 1.03 10300 0.34 5.8 480 225 420 19 2 8 36 5.0 286 0.01
KL26-03 461.8 464.6 1.06 10600 0.3 7.6 2100 1200 1070 25 2 3 46 5.0 51 0.14
KL26-03 464.6 467.6 0.9 9000 0.35 16.7 1400 4800 540 15 3 3 400 7.0 233 0.16
KL26-03 467.6 470.6 1 10000 0.79 4.6 245 163 81 15 3 9 19.4 6.0 189 0.01
KL26-03 470.6 473.6 1.3 13000 0.74 21.5 1090 600 1090 18 5 7 570 8.5 296 0.29
KL26-03 473.6 476.6 0.86 8600 0.65 2.1 92 37 17 28 1 6 2.6 5.3 281 0.01
KL26-03 476.6 479.6 0.87 8700 0.51 2.2 120 38 10 47 1 11 0.6 5.5 273 0.01
KL26-03 479.6 482.6 1.03 10300 0.75 2.4 720 182 53 17 1 9 8.5 6.3 72 0.01
KL26-03 482.6 485.6 1.02 10200 0.79 1.7 39 25 9 24 1 8 1.1 6.8 253 0.01
KL26-03 485.6 488.6 0.74 7400 0.49 2.3 110 42 15 23 1 7 2.3 4.9 138 0.01
KL26-03 488.6 491.6 0.81 8100 0.48 2.8 1410 860 46 29 0.01 8 24 4.8 126 0.1
KL26-03 491.6 494.6 0.74 7400 0.48 1.7 90 36 15 18 0.01 8 2.7 3.8 233 0.01
KL26-03 494.6 497.6 0.8 8000 0.45 1.8 46 10 4 10 0.01 9 0.9 5.9 262 0.01
KL26-03 497.6 500.6 0.64 6400 0.37 1.7 137 57 4 29 0.01 9 0.8 4.3 252 0.01
KL26-03 500.6 503.6 0.63 6300 0.38 1.8 28 13 3 24 0.01 9 0.4 4.8 289 0.01
KL26-03 503.6 506.6 0.62 6200 0.24 3.3 540 184 240 27 1 9 70 5.0 214 0.1
KL26-03 506.6 509.6 0.57 5700 0.32 2.4 121 45 18 24 0.01 10 2.5 5.5 58 0.01
KL26-03 509.6 512.6 0.006 60 0.11 2.5 41 250 22 12 0.01 1 3.3 1.0 126 0.01
KL26-03 512.6 515.6 0.37 3700 0.13 3.8 850 500 400 15 1 5 20.4 3.5 177 0.01
KL26-03 515.6 518.6 0.42 4200 0.14 3.6 600 425 100 28 1 7 4.7 4.3 156 0.1
KL26-03 518.6 521.6 0.53 5300 0.13 3.8 670 296 84 17 1 5 12 5.3 145 0.12
KL26-03 521.6 524.6 0.46 4600 0.28 2.2 126 98 25 14 0.01 6 2.5 4.0 164 0.01
KL26-03 524.6 527.6 0.419 4190 0.19 1.2 31 10 3 55 0.01 6 0.2 3.3 200 0.01
KL26-03 527.6 530.6 0.58 5800 0.25 2 135 48 6 27 1 8 1.1 3.0 171 0.01
KL26-03 530.6 533.6 0.433 4330 0.26 1.1 62 16 3 15 0.01 8 0.01 3.3 172 0.01
KL26-03 533.6 536.1 0.725 7250 0.28 1.4 71 12 1 13 0.01 10 0.01 4.5 243 0.01
KL26-03 536.1 539.6 0.2 2000 0.09 0.9 248 94 8 63 0.01 7 0.3 1.1 155 0.01
KL26-03 539.6 542.6 0.467 4670 0.27 1.3 43 13 11 97 0.01 8 0.5 4.5 155 0.01
KL26-03 542.6 545.6 0.302 3020 0.09 3.5 295 208 100 17 1 6 10.6 4.3 186 0.01



Appendix V - 113 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-03 545.6 548.6 0.266 2660 0.1 1 37 15 3 58 0.01 6 0.01 1.8 169 0.01
KL26-03 548.6 551.6 0.405 4050 0.13 1.4 1030 330 6 33 0.01 7 0.3 4.9 245 0.01
KL26-03 551.6 554.6 0.5 5000 0.32 1.1 58 16 4 48 0.01 7 0.2 3.8 198 0.01
KL26-03 554.6 557.6 0.392 3920 0.17 0.9 55 12 6 49 0.01 6 0.3 2.5 256 0.01
KL26-03 557.6 560.6 0.71 7100 0.48 1.3 70 13 5 15 0.01 8 0.2 4.0 246 0.01
KL26-03 560.6 563.6 0.32 3200 0.12 1 46 9 2 24 0.01 8 0.01 3.3 176 0.01
KL26-03 563.6 566.6 0.265 2650 0.13 0.9 36 16 1 18 0.01 6 0.01 2.7 161 0.01
KL26-03 566.6 569.6 0.47 4700 0.1 3.1 228 107 47 27 0.01 7 40 5.5 166 0.01
KL26-03 569.6 572.6 0.29 2900 0.05 3.1 800 385 140 47 0.01 8 38 6.4 170 0.01
KL26-03 572.6 575.6 0.28 2800 0.09 2 336 114 20 16 0.01 6 2.8 3.8 148 0.01
KL26-03 575.6 578.6 0.361 3610 0.16 1.2 61 26 4 25 0.01 5 0.01 4.0 157 0.01
KL26-03 578.6 581.6 0.376 3760 0.26 1.4 84 40 8 56 1 7 2.8 4.8 255 0.01
KL26-03 581.6 584.6 1.05 10500 0.6 4.5 560 171 7 207 1 9 2.7 5.5 213 0.01
KL26-03 584.6 587.6 0.426 4260 0.21 1.6 220 125 3 24 1 8 0.8 6.7 259 0.01
KL26-03 587.6 590.6 0.34 3400 0.1 3.1 720 600 19 23 0.01 7 19.8 4.0 185 0.01
KL26-03 590.6 593.6 0.21 2100 0.07 4.6 660 1830 52 25 4 5 16.5 4.0 158 0.1
KL26-03 593.6 596.6 0.36 3600 0.06 1.9 226 91 17 24 0.01 8 2.3 4.8 215 0.01
KL26-03 596.6 599.6 0.61 6100 0.07 44 6000 6100 780 40 3 6 1000 3.5 216 0.3
KL26-03 599.6 602.6 0.505 5050 0.1 21.6 3890 1780 520 22 3 4 380 5.3 260 0.27
KL26-03 602.6 605.6 0.75 7500 0.28 28.3 640 840 110 42 7 8 86 5.3 375 0.01
KL26-03 605.6 608.6 0.501 5010 0.23 3.4 185 120 27 15 1 8 2.6 4.5 227 0.01
KL26-03 608.6 611.6 0.18 1800 0.06 8.7 810 402 130 31 6 5 20.4 4.3 228 0.11
KL26-03 611.6 614.6 0.44 4400 0.08 2.1 129 112 12 24 1 6 2.5 5.3 348 0.01
KL26-03 614.6 617.6 0.23 2300 0.14 1 28 16 10 37 0.01 6 0.5 2.0 260 0.01
KL26-03 617.6 620.6 0.354 3540 0.2 0.7 40 15 2 54 0.01 9 0.01 3.5 243 0.01
KL26-03 620.6 623 0.41 4100 0.26 0.8 43 36 2 32 0.01 8 1.4 4.5 231 0.01
KL26-03 623 626.1 0.473 4730 0.16 0.9 28 16 2 61 1 7 0.01 4.6 266 0.01
KL26-03 626.1 629.2 0.304 3040 0.16 0.7 36 18 2 34 0.01 7 0.4 3.8 216 0.01
KL26-03 629.2 632.6 0.468 4680 0.44 0.8 40 10 1 28 0.01 7 0.4 4.3 296 0.01
KL26-03 632.6 635.6 0.323 3230 0.23 0.7 32 12 4 36 0.01 8 0.2 1.3 427 0.01
KL26-03 635.6 638.6 0.32 3200 0.08 0.8 54 24 13 26 0.01 6 0.2 4.3 300 0.01
KL26-03 638.6 641.6 0.35 3500 0.09 3.6 258 118 170 24 1 7 14.1 5.0 268 0.01
KL26-03 641.6 644.6 0.4 4000 0.06 3 228 118 100 53 1 8 5.7 5.8 236 0.01
KL26-03 644.6 647.6 0.37 3700 0.08 1.6 137 61 34 71 0.01 8 6.9 4.6 281 0.01
KL26-03 647.6 650.6 0.302 3020 0.09 1.2 304 123 60 60 0.01 7 4.8 4.5 203 0.01
KL26-03 650.6 653.6 0.242 2420 0.12 0.7 140 52 40 48 0.01 6 3.8 3.5 281 0.01
KL26-03 653.6 656.6 0.31 3100 0.14 0.7 42 20 2 77 0.01 7 0.3 4.0 312 0.01
KL26-03 656.6 659.6 0.22 2200 0.13 0.6 32 16 2 36 0.01 7 0.4 2.5 210 0.01
KL26-03 659.6 662.6 0.23 2300 0.09 0.6 27 13 2 33 0.01 6 0.4 3.0 156 0.01
KL26-03 662.6 665.2 0.23 2300 0.1 1.6 40 29 110 43 1 6 10.8 4.4 269 0.01
KL26-03 665.2 668.4 0.21 2100 0.07 1 82 72 19 24 0.01 6 0.5 3.8 167 0.01
KL26-03 668.4 671.5 0.21 2100 0.05 2.5 105 132 120 64 3 7 8 4.0 162 0.01
KL26-03 671.5 674.6 0.22 2200 0.03 1.4 124 65 57 75 1 7 1.2 3.5 122 0.01
KL26-03 674.6 677.6 0.436 4360 0.06 1 48 15 5 63 0.01 10 0.01 6.0 245 0.01
KL26-03 677.6 680.6 0.55 5500 0.07 1.9 68 31 28 89 0.01 9 1.6 4.8 261 0.01
KL26-03 680.6 683.3 0.37 3700 0.1 0.9 43 14 6 52 0.01 11 0.2 4.6 198 0.01
KL26-03 683.3 686.5 0.48 4800 0.18 1 28 9 6 43 0.01 12 0.01 5.8 245 0.01
KL26-03 686.5 689.6 0.67 6700 0.28 1.8 26 10 2 29 0.01 11 0.01 6.0 407 0.01
KL26-03 689.6 692.6 0.466 4660 0.14 1.1 61 26 16 27 0.01 7 0.01 4.8 242 0.01
KL26-03 692.6 695.6 0.37 3700 0.08 1 44 20 8 564 0.01 8 0.4 4.5 410 0.01
KL26-03 695.6 698.6 0.63 6300 0.4 1.2 46 11 0.01 60 0.01 8 0.01 4.8 170 0.01
KL26-03 698.6 701.6 1.24 12400 1 1.6 148 11 0.01 136 1 34 0.01 14.8 21 0.01
KL26-03 701.6 704.6 0.21 2100 0.16 0.1 126 8 1 18 0.01 27 0.01 1.0 42 0.01
KL26-03 704.6 707.6 0.314 3140 0.14 0.6 143 8 2 23 0.01 26 0.01 4.5 48 0.01
KL26-03 707.6 710.6 0.75 7500 0.37 1.8 192 8 3 27 0.01 30 0.4 7.9 71 0.01
KL26-03 710.6 712.8 0.67 6700 0.28 1.6 249 10 1 8 0.01 27 0.01 6.0 84 0.01
KL26-03 712.8 715.6 0.382 3820 0.26 1.2 299 7 3 9 0.01 32 0.4 3.3 83 0.01
KL26-03 715.6 718.6 0.53 5300 0.43 2 262 9 2 4 3 31 0.4 5.8 32 0.01
KL26-03 718.6 721.2 0.56 5600 0.22 1.5 192 14 3 11 1 26 0.01 4.8 43 0.01
KL26-03 721.2 724.3 0.75 7500 0.28 2.1 165 6 1 5 0.01 19 0.01 4.0 57 0.01
KL26-03 724.3 726.8 0.11 1100 0.04 0.5 57 5 3 42 0.01 12 0.01 1.2 30 0.01
KL26-03 726.8 728.6 1.48 14800 0.54 3.9 250 6 9 67 0.01 38 0.01 18.0 45 0.01
KL26-03 728.6 731.6 0.54 5400 0.32 2.1 304 9 6 10 0.01 25 0.01 11.4 36 0.01



Appendix V - 114 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-03 731.6 734.6 0.54 5400 0.36 2.1 194 7 5 29 0.01 20 0.3 12.5 32 0.01
KL26-03 734.6 737.6 0.07 700 0.02 0.1 55 8 1 10 0.01 18 0.01 1.3 28 0.01
KL26-03 737.6 740.6 0.117 1170 0.05 0.1 53 8 2 19 0.01 15 0.01 0.7 21 0.01
KL26-03 740.6 743.1 0.157 1570 0.12 0.1 47 13 2 30 0.01 8 0.4 1.2 30 0.01
KL26-03 743.1 746.2 0.32 3200 0.13 1 112 11 0.01 11 0.01 34 0.8 1.8 43 0.01
KL26-03 746.2 749.3 0.25 2500 0.11 0.1 113 7 0.01 27 0.01 18 0.3 3.0 40 0.01
KL26-03 749.3 752.3 0.35 3500 0.12 0.6 183 44 5 27 0.01 16 0.6 3.5 31 0.01
KL26-03 752.3 755.4 0.414 4140 0.15 0.8 179 43 1 60 0.01 16 0.3 4.5 28 0.01
KL26-03 755.4 758.5 0.36 3600 0.1 0.1 72 12 0.01 60 0.01 16 0.2 2.8 28 0.01
KL26-03 758.5 761.6 0.23 2300 0.09 0.1 43 8 0.01 24 0.01 12 0.4 4.5 30 0.01
KL26-03 761.6 764.6 0.093 930 0.06 0.1 15 6 0.01 36 0.01 1 0.01 0.0 13 0.01
KL26-03 764.6 767.6 0.134 1340 0.05 0.1 80 6 0.01 16 0.01 21 0.01 1.2 26 0.01
KL26-03 767.6 770.6 0.131 1310 0.08 0.1 64 7 0.01 16 0.01 10 0.01 1.1 38 0.01
KL26-03 770.6 773.6 0.149 1490 0.09 0.1 68 7 0.01 22 0.01 10 0.01 1.8 36 0.01
KL26-03 773.6 775.1 0.102 1020 0.1 0.1 72 7 2 25 0.01 10 0.01 1.5 34 0.01
KL26-04 0 2.9 0.0041 41 0.01 0.1 83 70 5 3 0.01 1 0.4 1.5 31 0.01
KL26-04 2.9 5.9 0.0028 28 0.01 0.1 37 19 8 2 0.01 1 1.1 3.7 24 0.01
KL26-04 5.9 8.9 0.0021 21 0.01 0.1 19 14 5 1 0.01 1 0.4 2.0 38 0.01
KL26-04 8.9 11.5 0.0032 32 0.02 0.1 51 34 10 5 0.01 1 1.4 3.5 38 0.01
KL26-04 11.5 14.6 0.0042 42 0.01 0.1 22 29 4 3 0.01 1 0.7 2.0 44 0.01
KL26-04 14.6 17.3 0.0036 36 0.01 0.1 21 13 4 13 0.01 1 1.7 2.3 47 0.01
KL26-04 17.3 20.4 0.0027 27 0.01 0.1 26 10 5 2 0.01 1 0.5 2.7 36 0.01
KL26-04 20.4 23.4 0.0024 24 0.01 0.1 53 17 5 1 0.01 1 0.4 1.6 55 0.01
KL26-04 23.4 25.5 0.0024 24 0.01 0.1 28 17 7 2 0.01 1 0.5 1.7 104 0.01
KL26-04 25.5 29.1 0.0019 19 0.01 0.1 46 23 8 3 1 2 3.8 5.0 138 0.01
KL26-04 29.1 30.2 0.0013 13 0.04 0.5 35 102 28 2 0.01 8 1.4 3.3 90 0.01
KL26-04 30.2 35.9 0.066 660 0.36 36.1 35700 23400 120 8 14 1 26 120.0 55 0.29
KL26-04 35.9 37.5 0.0033 33 0.07 5.1 320 1640 19 12 6 1 3.2 3.6 177 0.01
KL26-04 37.5 40.4 0.009 90 0.07 8.6 650 5000 43 13 5 1 7.5 21.2 46 0.01
KL26-04 40.4 43.4 0.0024 24 0.12 1.3 129 640 24 20 0.01 1 4.2 3.2 164 0.01
KL26-04 43.4 46.1 0.0021 21 0.06 1.6 141 1570 20 7 0.01 1 2.3 2.3 201 0.01
KL26-04 46.1 49.4 0.0024 24 0.02 1.1 95 1020 6 8 0.01 1 1.9 1.5 232 0.01
KL26-04 49.4 52.4 0.0023 23 0.02 1.2 85 730 18 12 0.01 1 4.4 0.0 117 0.01
KL26-04 52.4 54.2 0.0015 15 0.01 2.3 210 1720 10 10 0.01 1 3.7 1.2 124 0.01
KL26-04 54.2 57.7 0.0024 24 0.04 2.3 212 1610 9 6 0.01 1 3.6 2.3 146 0.01
KL26-04 57.7 60.9 0.0025 25 0.01 1 95 730 9 8 0.01 1 2.5 0.6 112 0.01
KL26-04 60.9 63.9 0.0032 32 0.03 0.9 180 169 13 16 0.01 1 1.7 0.5 121 0.01
KL26-04 63.9 66.9 0.0033 33 0.04 2.3 161 1400 29 29 0.01 1 4 1.5 107 0.01
KL26-04 66.9 70 0.0019 19 0.02 1.3 105 238 27 7 0.01 1 2.8 0.6 38 0.01
KL26-04 70 74 0.0024 24 0.42 4.9 126 620 42 5 0.01 1 7.1 2.3 120 0.01
KL26-04 74 76.9 0.0015 15 0.03 1.8 180 730 7 7 1 1 1.4 1.7 35 0.01
KL26-04 76.9 79.7 0.0012 12 0.02 2.4 19 520 8 5 2 3 1 2.3 22 0.01
KL26-04 79.7 85.4 0.0013 13 0.06 1.6 380 175 9 8 1 1 1 2.0 21 0.01
KL26-04 85.4 89.9 0.003 30 0.08 6.6 490 2400 21 4 7 1 2.7 1.7 18 0.01
KL26-04 89.9 94.4 0.0008 8 0.11 1.9 357 288 3 2 0.01 1 1.3 2.0 23 0.01
KL26-04 94.4 98.9 0.0028 28 0.03 3.7 40 530 12 8 8 1 1.1 2.0 26 0.01
KL26-04 98.9 101.9 0.0127 127 0.03 22 402 9600 44 7 3 1 13.3 3.8 28 0.01
KL26-04 101.9 104.9 0.0013 13 0.01 0.8 35 186 6 1 0.01 1 0.7 0.0 26 0.01
KL26-04 104.9 107.9 0.0023 23 0.02 2.1 85 510 5 1 1 1 0.8 1.7 27 0.01
KL26-04 107.9 112.4 0.0024 24 0.01 2.1 23 230 8 1 1 1 0.9 3.0 25 0.01
KL26-04 112.4 116.9 0.0016 16 0.02 2.2 16 690 3 6 1 3 1.3 2.5 28 0.01
KL26-04 116.9 119.9 0.0015 15 0.01 1.2 33 322 2 5 1 1 3.5 1.0 32 0.01
KL26-04 119.9 124.4 0.0017 17 0.02 3 104 840 5 10 0.01 1 1.4 1.7 16 0.01
KL26-04 124.4 127.4 0.0014 14 0.02 3.4 202 440 15 24 0.01 1 0.4 0.9 17 0.01
KL26-04 127.4 130.4 0.0025 25 0.01 5.3 308 1620 5 5 2 1 2.4 2.3 17 0.01
KL26-04 130.4 133.4 0.0107 107 0.03 4.1 128 740 4 5 0.01 1 2.1 1.7 17 0.01
KL26-04 133.4 139.4 0.0015 15 0.01 4.1 85 720 3 5 0.01 1 1.3 2.3 16 0.01
KL26-04 139.4 142.4 0.0029 29 0.01 2.4 85 540 3 7 0.01 1 1 1.2 12 0.01
KL26-04 142.4 145.4 0.0014 14 0.01 1.6 132 210 1 7 0.01 1 0.8 0.7 14 0.01
KL26-04 145.4 148.4 0.0282 282 0.01 2 60 115 8 14 0.01 1 1.4 1.5 17 0.01
KL26-04 148.4 151.4 0.0134 134 0.01 3.3 280 355 9 7 1 1 0.9 1.7 16 0.01
KL26-04 151.4 154.4 0.0028 28 0.01 3.2 378 740 6 8 1 1 2.1 1.7 23 0.01
KL26-04 154.4 158.9 0.0021 21 0.01 2.2 440 480 2 8 1 1 0.6 0.7 21 0.01



Appendix V - 115 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-04 158.9 161.9 0.0038 38 0.02 1.8 178 157 4 6 1 1 0.5 1.0 22 0.01
KL26-04 161.9 164.9 0.0012 12 0.01 1 55 131 4 10 1 1 0.5 0.5 13 0.01
KL26-04 164.9 167.9 0.0013 13 0.01 0.9 75 121 7 7 0.01 1 0.5 1.2 20 0.01
KL26-04 167.9 170.9 0.0013 13 0.01 0.8 56 46 5 8 0.01 1 0.6 1.0 17 0.01
KL26-04 170.9 173.6 0.0024 24 0.01 1.4 371 319 7 9 0.01 1 1.3 1.5 18 0.01
KL26-04 173.6 176.7 0.0019 19 0.01 1.3 480 336 7 11 0.01 1 1.2 1.5 17 0.01
KL26-04 176.7 179.9 0.0176 176 0.06 3.5 1540 1620 58 23 1 1 4.8 5.5 31 0.01
KL26-04 179.9 182.9 0.0131 131 0.08 2.6 840 950 28 13 2 1 4.2 3.5 30 0.01
KL26-04 182.9 185.9 0.0065 65 0.07 2.4 900 1650 18 13 0.01 1 2.7 2.3 23 0.01
KL26-04 185.9 188.9 0.0057 57 0.07 2.2 343 1840 13 26 7 1 0.8 3.3 20 0.01
KL26-04 188.9 191.9 0.02 200 0.18 5.1 3200 5200 28 73 12 2 4.3 7.0 26 0.11
KL26-04 191.9 194.4 0.0086 86 0.08 3.1 3400 3600 16 17 6 1 1.2 2.3 18 0.15
KL26-04 194.4 196.4 0.0188 188 0.08 3.2 1900 1150 32 120 56 1 3 7.0 23 0.01
KL26-04 196.4 199.2 0.047 470 0.11 9 3200 7000 38 32 38 1 2.7 13.6 28 0.13
KL26-04 199.2 201.4 0.29 2900 0.96 13.6 29900 5200 610 37 54 36 6.8 70.8 112 0.61
KL26-04 201.4 202.7 0.58 5800 1.96 9.6 47600 620 370 520 120 32 5 97.0 168 1.23
KL26-04 202.7 204.6 0.078 780 1.29 1.3 201 32 240 1320 28 9 6 21.0 177 0.45
KL26-04 204.6 208 0.095 950 0.96 1.4 166 76 260 2200 28 6 5.9 19.8 201 0.2
KL26-04 208 210.3 0.179 1790 0.49 1.9 67 27 54 3230 40 6 1.4 11.2 78 0.12
KL26-04 210.3 212.9 0.81 8100 2.4 8.9 241 40 260 2200 100 56 5 16.0 78 0.72
KL26-04 212.9 216.2 0.63 6300 4.32 3.5 398 50 630 2525 18 5 9.8 10.1 117 0.85
KL26-04 216.2 218.6 0.93 9300 1.15 3.2 167 18 49 223 9 7 1.2 10.5 92 0.1
KL26-04 218.6 221.1 0.48 4800 0.77 2.3 137 35 140 1365 2 11 1.6 14.3 57 0.18
KL26-04 221.1 223 0.59 5900 0.71 2.6 262 38 150 1910 6 7 1.5 8.7 51 0.32
KL26-04 223 225.1 0.53 5300 1.07 3.5 196 25 160 4810 5 19 1.5 13.5 68 0.18
KL26-04 225.1 227.9 0.34 3400 0.57 2.2 87 13 33 208 3 5 0.4 10.5 22 0.01
KL26-04 227.9 230.9 1.06 10600 1.37 4.7 358 21 130 370 3 11 0.4 19.5 57 0.12
KL26-04 230.9 232.7 0.26 2600 0.45 1.4 204 15 30 478 2 10 0.3 6.5 41 0.16
KL26-04 232.7 235.4 0.325 3250 1.09 1.8 313 63 280 234 3 9 1.7 10.0 65 0.34
KL26-04 235.4 238.1 1.36 13600 3.13 14.5 3500 134 290 125 10 81 2.5 29.5 97 0.49
KL26-04 238.1 241.3 2.08 20800 4.48 20 2100 152 120 166 10 49 2.6 23.0 100 0.19
KL26-04 241.3 244.5 0.245 2450 0.33 2.7 97 49 26 1125 6 8 1.1 17.0 122 0.01
KL26-04 244.5 247.4 0.46 4600 1.52 5.5 760 130 230 380 19 33 2.3 28.0 164 0.01
KL26-04 247.4 250.4 1.19 11900 1.71 10.2 365 48 48 370 21 12 0.8 11.5 136 0.01
KL26-04 250.4 253.4 1.77 17700 5.13 18.1 860 48 42 210 20 68 1.8 18.0 187 0.01
KL26-04 253.4 256.8 0.86 8600 1.19 10.3 3500 156 470 650 25 50 4.2 25.5 386 0.38
KL26-04 256.8 259.4 1.17 11700 1.29 6.7 3100 283 200 42 18 32 2.2 23.2 213 0.19
KL26-04 259.4 262.4 0.9 9000 0.83 5.7 2600 790 260 26 26 30 3.6 63.8 305 0.12
KL26-04 262.4 265.4 1.93 19300 2.17 13.4 8700 1400 34 15 64 30 4.5 38.2 194 0.1
KL26-04 265.4 268.4 1.28 12800 1.77 6.9 670 56 30 81 7 42 2.4 31.5 93 0.1
KL26-04 268.4 271.4 1.24 12400 3.29 9.1 1610 450 16 13 30 44 1.8 24.3 48 0.01
KL26-04 271.4 274.4 1.56 15600 3.11 9.4 9800 72 11 6 10 199 1.6 42.0 86 0.1
KL26-04 274.4 277.4 2.12 21200 2.32 6.7 254 96 5 63 1 81 0.8 34.0 115 0.01
KL26-04 277.4 280.4 2.04 20400 2.6 5.9 268 35 1 21 1 41 0.4 28.7 92 0.01
KL26-04 280.4 283.4 2.24 22400 2.53 5.8 198 31 30 40 0.01 83 0.4 15.2 209 0.01
KL26-04 283.4 286.4 2.83 28300 2.43 5.2 940 480 760 50 1 99 16.8 25.0 219 0.49
KL26-04 286.4 289.4 4.28 42800 2.68 3.6 269 24 29 231 0.01 86 0.4 26.0 213 0.01
KL26-04 289.4 292.4 4.31 43100 2.84 5.8 324 37 7 135 0.01 80 0.2 25.0 55 0.01
KL26-04 292.4 295.4 2.35 23500 1.87 3.1 137 12 0.01 291 0.01 74 0.01 15.5 34 0.01
KL26-04 295.4 298.4 3.17 31700 2.77 4.7 148 8 0.01 227 0.01 76 0.01 20.0 43 0.01
KL26-04 298.4 301.4 3.46 34600 2.61 6.6 700 600 3 256 0.01 75 0.01 21.5 45 0.01
KL26-04 301.4 304.4 3.21 32100 2.48 5.4 223 67 5 529 0.01 57 0.01 21.0 54 0.01
KL26-04 304.4 307.4 1.3 13000 1.09 2 104 10 0.01 260 0.01 52 0.01 9.8 38 0.01
KL26-04 307.4 310.4 3.67 36700 2.65 4.4 124 15 1 409 0.01 96 0.01 34.0 76 0.01
KL26-04 310.4 313.4 3.29 32900 2.59 5.8 266 72 3 354 0.01 75 0.01 18.5 40 0.01
KL26-04 313.4 316.4 1.93 19300 1.69 3.9 151 20 1 311 0.01 58 0.01 9.0 50 0.01
KL26-04 316.4 319.4 1.96 19600 2.03 3.7 121 9 0.01 52 0.01 45 0.01 6.5 78 0.01
KL26-04 319.4 322.4 1.69 16900 1.51 2.4 101 8 1 270 0.01 44 0.01 15.0 48 0.01
KL26-04 322.4 325.4 2.28 22800 3.05 6.2 590 2600 83 490 0.01 54 13.7 14.0 92 2.77
KL26-04 325.4 326.9 0.68 6800 0.77 3.4 196 22 18 98 3 53 0.9 13.7 60 0.01
KL26-04 326.9 329.9 1 10000 0.69 6.4 102 20 5 36 3 43 0.6 20.0 106 0.01
KL26-04 329.9 331.9 0.294 2940 0.29 2.1 64 21 4 648 9 11 0.2 13.7 121 0.01
KL26-04 331.9 334.4 0.32 3200 0.32 2.8 83 20 24 317 9 16 0.2 17.3 138 0.01



Appendix V - 116 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-04 334.4 337.4 0.351 3510 0.39 2.1 60 14 20 286 6 38 0.3 17.5 87 0.01
KL26-04 337.4 340.4 2.03 20300 1.87 12.2 342 21 7 241 7 39 0.01 17.2 120 0.01
KL26-04 340.4 343.4 0.81 8100 1.08 5.5 117 21 15 736 13 14 0.2 11.7 134 0.01
KL26-04 343.4 346.4 1.56 15600 1.76 9.6 198 22 16 630 27 42 0.3 11.5 144 0.01
KL26-04 346.4 348.6 2.52 25200 3.6 17.5 650 18 20 180 8 57 0.01 23.5 148 0.01
KL26-04 348.6 350.9 3.52 35200 6.01 21.8 840 23 12 6 6 84 0.3 19.0 81 0.01
KL26-04 350.9 353.9 1.38 13800 2.14 8.9 257 18 18 36 7 48 0.2 17.7 161 0.01
KL26-04 353.9 356.9 4.52 45200 5.6 29.8 750 13 17 103 5 136 0.3 13.0 139 0.01
KL26-04 356.9 359.9 1.08 10800 1.15 7.7 145 19 19 102 6 22 0.2 10.5 114 0.01
KL26-04 359.9 362.9 2.34 23400 2.65 16.1 470 17 19 95 4 51 0.3 13.0 88 0.01
KL26-04 362.9 364.4 1.55 15500 2.13 10.2 232 20 12 136 4 55 0.01 18.7 177 0.01
KL26-04 364.4 367.4 3.8 38000 5.32 28.3 810 14 12 100 3 98 0.5 24.0 136 0.01
KL26-04 367.4 370.4 0.325 3250 0.47 2.4 55 17 11 189 21 10 0.2 13.3 103 0.01
KL26-04 370.4 373.4 0.266 2660 0.32 2 48 16 14 123 18 6 0.2 15.2 119 0.01
KL26-04 373.4 376.4 0.277 2770 0.33 2.1 47 18 19 171 15 10 0.3 24.9 133 0.01
KL26-04 376.4 379.4 0.202 2020 0.24 1.5 34 14 23 90 25 7 0.4 26.4 164 0.01
KL26-04 379.4 382.4 0.358 3580 0.47 2.4 40 15 25 270 37 12 0.7 19.2 76 0.01
KL26-04 382.4 385.4 0.361 3610 0.52 2.3 33 25 60 140 29 9 1.6 26.4 116 0.01
KL26-04 385.4 388.4 0.85 8500 0.79 4.4 50 17 32 41 16 18 0.9 19.5 53 0.01
KL26-04 388.4 391.4 2.59 25900 2.6 11.6 91 11 28 43 10 58 1 28.5 160 0.01
KL26-04 391.4 394.4 1.93 19300 1.19 13.3 269 16 32 22 5 46 0.3 13.2 58 0.01
KL26-04 394.4 397.4 1.99 19900 1.63 21 186 16 36 269 4 107 0.4 12.3 165 0.01
KL26-04 397.4 400.4 1.54 15400 0.55 20.1 138 18 37 86 8 56 0.4 20.5 67 0.01
KL26-04 400.4 401.9 1.53 15300 2.07 22.6 175 21 57 91 6 35 0.2 16.0 121 0.01
KL26-04 401.9 406.6 1.41 14100 1.8 19.5 273 66 61 69 11 46 0.5 28.5 78 0.01
KL26-04 406.6 408 1.28 12800 0.77 16.2 16600 326 22 15 74 13 0.01 86.5 63 0.12
KL26-04 408 410.5 0.025 250 0.17 2.7 1640 560 62 6 7 1 1.2 2.5 30 0.01
KL26-04 410.5 413.6 0.056 560 0.13 2.8 1520 550 40 8 4 4 1.2 2.5 44 0.01
KL26-04 413.6 416.6 0.106 1060 0.04 1 470 194 15 21 5 1 1.9 0.0 28 0.01
KL26-04 416.6 419.7 0.0207 207 0.03 0.1 108 65 16 9 0.01 1 1.5 0.0 21 0.01
KL26-04 419.7 422.8 0.007 70 0.02 0.1 122 93 24 9 1 4 0.9 1.9 31 0.01
KL26-04 422.8 425.8 0.0103 103 0.02 0.1 380 44 18 6 1 1 1.5 1.6 24 0.01
KL26-04 425.8 429.5 0.046 460 0.09 0.9 257 48 32 10 19 5 2.4 4.0 48 0.01
KL26-04 429.5 432.6 0.164 1640 0.33 10.7 188 68 42 198 107 6 0.6 7.3 76 0.01
KL26-04 432.6 435.7 0.0095 95 0.28 1.1 43 18 33 309 7 1 0.4 0.0 37 0.01
KL26-04 435.7 439.1 0.0205 205 0.04 1 27 14 14 1080 3 5 0.6 1.5 47 0.01
KL26-04 439.1 443.8 0.0206 206 0.01 0.1 27 27 4 582 2 3 0.9 0.0 183 0.01
KL26-04 443.8 446.8 0.0113 113 0.01 0.1 30 13 3 231 2 4 0.6 0.0 72 0.01
KL26-04 446.8 449.8 0.0261 261 0.05 1.9 34 27 9 2570 7 6 0.6 3.8 176 0.01
KL26-04 449.8 452.8 0.12 1200 0.29 18 24900 12000 75 197 141 6 11.9 13.2 65 0.01
KL26-04 452.8 454.6 0.0306 306 0.19 2.1 233 219 25 260 68 5 1.3 2.8 35 0.01
KL26-04 454.6 456.9 1.06 10600 2.07 22.5 5200 233 240 273 820 168 1.8 39.0 123 0.01
KL26-04 456.9 458.8 0.09 900 0.44 8.8 8100 3800 62 620 195 8 2.5 10.2 41 0.01
KL26-04 458.8 461.8 0.069 690 0.05 1.5 422 600 18 18 4 1 2.6 2.8 39 0.01
KL26-04 461.8 464.8 0.0133 133 0.04 3.9 2700 3000 13 13 8 1 3.5 8.3 51 0.01
KL26-04 464.8 467.8 0.041 410 0.03 1.4 230 470 13 18 3 2 2.5 2.5 32 0.01
KL26-04 467.8 470.8 0.17 1700 0.05 1.5 199 403 17 15 2 1 6.7 1.8 27 0.01
KL26-04 470.8 473.8 0.0067 67 0.05 1.3 175 409 17 8 4 1 1.5 0.0 23 0.01
KL26-04 473.8 476.8 0.0275 275 0.17 2.4 1640 930 34 10 5 1 2.2 5.0 31 0.1
KL26-04 476.8 479.8 0.0171 171 0.2 2.7 1910 1270 36 17 7 1 2.5 6.3 32 0.01
KL26-04 479.8 482.4 0.0247 247 0.18 6.3 1970 1870 38 13 14 1 3.2 6.0 25 0.01
KL26-04 482.4 485.4 0.007 70 0.04 0.1 158 118 14 8 1 1 1.1 3.2 26 0.01
KL26-05 0 3 0.0067 67 0.06 1.4 420 610 10 11 0.01 1 1.9 19.5 22 0.01
KL26-05 3 6 0.0055 55 0.02 0.1 78 59 7 3 3 1 0.7 2.7 24 0.01
KL26-05 6 9 0.0134 134 0.09 0.5 280 83 30 12 9 1 1.4 3.1 21 0.01
KL26-05 9 12 0.028 280 0.25 2.6 620 570 40 21 6 1 3.3 4.0 24 0.01
KL26-05 12 15 0.0158 158 0.02 0.1 55 40 4 5 0.01 1 1.1 3.0 26 0.01
KL26-05 15 18 0.17 1700 0.02 0.1 102 189 2 16 1 1 5.7 3.0 26 0.01
KL26-05 18 21 0.033 330 0.02 0.1 68 67 1 10 0.01 1 2.1 3.2 17 0.01
KL26-05 21 24 0.056 560 0.05 0.1 129 49 7 11 17 1 1.3 3.5 35 0.01
KL26-05 24 27 0.0038 38 0.02 0.1 70 27 4 3 0.01 1 0.3 1.7 42 0.01
KL26-05 27 30 0.0049 49 0.01 0.1 79 28 8 3 0.01 1 0.4 1.2 25 0.01
KL26-05 30 33 0.0042 42 0.02 0.1 60 23 7 4 0.01 2 0.5 1.2 38 0.01



Appendix V - 117 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-05 33 36 0.0217 217 0.23 1.9 1540 730 33 9 4 1 1.9 4.7 22 0.01
KL26-05 36 38.3 0.0069 69 0.02 0.1 60 27 5 3 0.01 1 0.5 1.2 34 0.01
KL26-05 38.3 41.3 0.0175 175 0.01 0.1 92 40 10 4 0.01 1 0.8 2.0 56 0.01
KL26-05 41.3 45 0.0289 289 0.06 18.9 13900 4500 30 7 26 3 8.8 25.5 62 0.13
KL26-05 45 50.5 0.0115 115 0.06 2.4 620 810 6 13 0.01 2 1.6 23.1 24 0.01
KL26-05 50.5 53.5 0.052 520 0.3 150 10500 58400 52 16 200 1 39 2550.0 263 0.01
KL26-05 53.5 57 0.048 480 0.1 11.7 245 3140 18 4 7 2 3.7 25.0 31 0.01
KL26-05 57 60 0.0108 108 0.06 12.4 1710 4820 90 15 7 1 11.1 14.3 21 0.01
KL26-05 60 63 0.0071 71 0.01 1.2 175 420 15 10 0.01 1 4.1 0.0 24 0.01
KL26-05 63 66 0.0297 297 0.1 1.4 195 530 23 11 1 2 3 1.0 31 0.01
KL26-05 66 69 0.0144 144 0.13 1 174 61 26 4 0.01 1 2.2 0.0 27 0.01
KL26-05 69 72 0.0156 156 0.01 0.7 259 132 1 5 0.01 2 0.3 0.0 82 0.01
KL26-05 72 75 0.0078 78 0.01 2.1 223 440 13 12 0.01 1 2.4 0.0 20 0.01
KL26-05 75 78 0.008 80 0.01 1.2 103 287 10 6 0.01 1 1.7 1.1 22 0.01
KL26-05 78 81 0.0081 81 0.01 0.1 44 42 2 7 0.01 1 0.5 0.5 24 0.01
KL26-05 81 84 0.0084 84 0.02 6.2 960 800 9 5 0.01 1 2.1 1.5 27 0.01
KL26-05 84 87 0.0065 65 0.01 0.1 186 164 1 6 0.01 2 0.5 1.0 19 0.01
KL26-05 87 90 0.0064 64 0.01 0.1 76 30 4 8 0.01 1 0.4 1.0 21 0.01
KL26-05 90 93 0.0039 39 0.01 0.1 91 29 3 7 0.01 1 0.4 0.7 19 0.01
KL26-05 93 96 0.006 60 0.01 0.1 68 26 5 13 0.01 1 0.3 0.7 21 0.01
KL26-05 96 99 0.0048 48 0.01 0.1 27 20 4 7 0.01 1 0.4 0.0 15 0.01
KL26-05 99 102 0.0039 39 0.01 0.1 39 13 4 7 0.01 1 0.2 0.0 12 0.01
KL26-05 102 105 0.0074 74 0.01 0.1 33 10 1 4 0.01 1 0.01 0.5 17 0.01
KL26-05 105 108 0.0025 25 0.01 0.1 21 11 2 6 0.01 1 0.01 0.0 15 0.01
KL26-05 108 111 0.0032 32 0.01 0.1 29 23 2 4 0.01 1 0.2 0.5 36 0.01
KL26-05 111 114 0.0041 41 0.01 0.1 38 95 1 4 0.01 1 0.8 0.0 68 0.01
KL26-05 114 119.8 0.0059 59 0.26 5.5 182 820 38 7 0.01 1 3.5 4.3 37 0.01
KL26-05 119.8 121.5 0.0066 66 0.13 6 1820 3810 13 6 0.01 1 4.1 5.1 23 0.01
KL26-05 121.5 123 0.0068 68 0.19 5.6 437 3050 13 7 0.01 1 4.2 3.0 21 0.01
KL26-05 123 126 0.0083 83 0.07 4.4 590 1780 14 9 1 1 3.4 2.3 27 0.01
KL26-05 126 129 0.0097 97 0.03 0.8 103 249 7 4 0.01 1 1.2 1.5 23 0.01
KL26-05 129 132 0.0035 35 0.04 1.5 56 298 12 2 0.01 1 0.9 3.0 21 0.01
KL26-05 132 135 0.0083 83 0.05 2.4 33 164 7 4 1 1 1.5 1.5 16 0.01
KL26-05 135 138 0.0109 109 0.03 8.8 480 3440 47 4 5 1 5.5 6.8 27 0.01
KL26-05 138 141 0.0044 44 0.02 1.3 28 252 6 2 1 1 0.6 2.3 13 0.01
KL26-05 141 142.9 0.0029 29 0.01 2.6 24 181 5 3 4 1 0.5 1.0 26 0.01
KL26-05 142.9 145.7 0.0059 59 0.01 1.8 27 201 4 1 3 1 0.8 1.0 29 0.01
KL26-05 145.7 159 0.0076 76 0.01 7.4 530 1190 9 1 6 1 1.6 1.8 28 0.01
KL26-05 159 167.5 0.013 130 0.04 23.3 110 3640 45 1 0.01 1 9.3 3.2 27 0.01
KL26-05 167.5 179.8 0.0027 27 0.03 2.5 225 1110 7 4 0.01 1 1.6 1.5 21 0.01
KL26-05 179.8 183 0.0028 28 0.04 3.7 1290 610 9 2 0.01 1 1.7 2.0 11 0.01
KL26-05 183 189 0.0044 44 0.11 16 3500 7300 10 8 0.01 1 15 2.8 19 0.01
KL26-05 189 193.5 0.0029 29 0.06 2.1 850 810 11 6 0.01 1 1.7 2.8 19 0.14
KL26-05 193.5 198 0.0018 18 0.05 2 560 990 10 13 0.01 1 3.1 1.5 13 0.01
KL26-05 198 207 0.0014 14 0.06 3.1 500 2650 9 7 0.01 1 3 2.3 9 0.01
KL26-05 207 210 0.058 580 0.03 79 7200 5700 110 11 0.01 1 285 9.0 23 0.19
KL26-05 210 211.7 0.0037 37 0.04 4.2 630 1510 14 60 0.01 1 3.3 3.5 9 0.01
KL26-05 211.7 214.2 0.0022 22 0.05 3.1 156 1190 9 39 3 1 2.1 3.0 11 0.01
KL26-05 214.2 217.7 0.0031 31 0.1 4.3 128 500 13 15 1 1 3.2 4.7 19 0.01
KL26-05 217.7 219.6 0.0013 13 0.03 1 67 68 5 12 0.01 1 1 1.5 20 0.01
KL26-05 219.6 222 0.002 20 0.05 1.8 391 260 10 15 1 1 1.2 3.0 20 0.01
KL26-05 222 225 0.0083 83 0.04 1.9 232 398 8 21 2 1 0.9 3.5 16 0.01
KL26-05 225 228 0.0043 43 0.04 1.4 233 196 9 10 0.01 1 1.5 2.0 20 0.01
KL26-05 228 231 0.0051 51 0.17 8.2 470 510 13 11 0.01 1 4.5 5.5 20 0.12
KL26-05 231 234 0.0101 101 0.04 2.1 460 215 14 12 0.01 1 3.3 4.8 24 0.01
KL26-05 234 237 0.0079 79 0.07 4.2 263 214 13 13 0.01 1 1.7 4.0 13 0.12
KL26-05 237 240 0.0108 108 0.27 51 5020 4590 20 14 2 1 6.5 7.8 16 1.34
KL26-05 240 243.2 0.0119 119 0.11 3.8 1300 860 19 18 2 1 1.5 8.3 13 0.42
KL26-05 243.2 246 0.171 1710 0.42 10.1 2530 810 180 126 10 5 10.8 12.5 35 2.57
KL26-05 246 249 0.044 440 0.19 8.9 3600 3610 75 48 7 1 5.9 12.5 27 2.12
KL26-05 249 252 0.014 140 0.06 3.2 1130 820 18 49 4 1 1.3 4.8 18 0.28
KL26-05 252 255 0.0075 75 0.09 3.4 1480 1390 19 44 6 1 1.5 5.0 17 0.21
KL26-05 255 258 0.0092 92 0.07 4.2 750 1360 8 48 8 1 0.6 5.0 15 0.16



Appendix V - 118 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-05 258 276 0.165 1650 0.19 9.1 2880 1140 45 154 45 37 1.1 16.5 35 0.23
KL26-05 276 279.5 0.326 3260 0.76 23.4 5290 2730 180 41 52 13 5.8 14.8 50 1.28
KL26-05 279.5 282.1 1.26 12600 1.31 26.6 1010 570 260 2930 171 48 6.2 32.0 195 0.25
KL26-05 282.1 284.5 0.437 4370 1.49 18.6 200 151 300 7800 121 60 6.1 37.8 69 0.1
KL26-05 284.5 287.5 1.12 11200 2.41 33 4000 367 240 3750 160 100 5.8 56.5 144 0.14
KL26-05 287.5 290.7 0.92 9200 1.4 18.8 4800 124 180 1810 79 58 7.4 48.3 148 0.25
KL26-05 290.7 293 1.54 15400 1.73 40 39900 350 140 327 120 78 7.1 42.5 176 2.2
KL26-05 293 296 1.48 14800 1.75 33 2500 334 330 920 620 170 7.8 95.8 263 0.18
KL26-05 296 299.1 1.73 17300 1.71 30.1 900 104 260 41 85 90 6.6 60.5 174 0.11
KL26-05 299.1 301.9 1.37 13700 1.43 26.4 7500 700 300 70 65 80 7.3 60.5 151 0.27
KL26-05 301.9 303.8 1.16 11600 0.92 22.3 3400 440 160 86 70 67 5 41.5 149 0.18
KL26-05 303.8 306 1.39 13900 0.68 22.4 510 410 130 69 64 66 5.1 37.5 189 0.01
KL26-05 306 309 1.2 12000 0.81 25.6 1190 680 210 85 79 60 5 46.2 168 0.01
KL26-05 309 312 0.99 9900 0.64 17.7 780 154 130 48 93 31 4.5 69.5 169 0.1
KL26-05 312 315 1.04 10400 1.16 31.1 1810 530 240 38 148 73 6.8 64.5 194 0.2
KL26-05 315 318 1.27 12700 0.93 23.4 1130 114 180 370 80 48 5.5 30.2 153 0.18
KL26-05 318 320.5 1.05 10500 1.6 20.7 520 214 200 630 31 19 5.2 26.3 175 0.19
KL26-05 320.5 323.2 1.38 13800 0.88 27.9 3600 358 280 302 19 27 3.7 22.2 133 0.18
KL26-05 323.2 325.2 1 10000 0.81 70 52800 5700 130 180 150 27 2.5 50.5 137 0.35
KL26-05 325.2 327 1.03 10300 1.09 113 358000 8500 300 94 382 28 5 117.0 85 2.2
KL26-05 327 330 1.04 10400 1.17 184 267000 44000 300 25 398 49 5.8 172.0 185 1.6
KL26-05 330 332 1.3 13000 1.31 30 32300 2400 200 1100 130 74 3.4 98.0 228 0.3
KL26-05 332 333.7 1.18 11800 1.57 53.5 30000 27700 580 82 98 66 23 92.5 186 0.2
KL26-05 333.7 336 0.092 920 0.5 10.8 7200 2900 120 142 17 5 6.1 16.5 50 0.01
KL26-05 336 342 0.0185 185 0.08 3.5 2870 1410 38 74 6 1 2.5 5.5 19 0.01
KL26-05 342 345 0.41 4100 0.52 17.2 25800 8300 150 56 60 17 9.8 30.2 31 0.31
KL26-05 345 348 0.122 1220 0.23 18.4 7700 7000 55 174 63 4 5.3 18.7 33 0.01
KL26-05 348 350.7 0.101 1010 1.77 4 880 1170 240 96 6 5 21 9.3 48 0.01
KL26-05 350.7 354 0.072 720 0.38 3.2 1490 680 190 44 3 5 16.9 6.2 20 0.01
KL26-05 354 357 0.072 720 0.13 5.1 4930 1560 210 22 7 2 15 10.5 21 0.01
KL26-05 357 360 0.0102 102 0.03 0.5 860 143 12 11 1 2 0.5 3.7 18 0.12
KL26-05 360 363 0.0231 231 0.19 5.2 1410 1750 34 36 6 1 3.4 9.0 23 0.12
KL26-05 363 366 0.0147 147 0.15 3.3 1030 760 14 19 5 1 1.2 5.5 21 0.01
KL26-05 366 368 0.014 140 0.04 1.7 640 289 26 20 4 1 2.2 3.0 14 0.01
KL26-05 368 369.4 0.0296 296 0.04 4.1 690 720 54 38 7 1 4.6 6.0 16 0.01
KL26-05 369.4 372 0.0166 166 0.05 3.8 870 610 28 17 7 1 1.9 6.2 17 0.01
KL26-05 381 384 0.0082 82 0.04 1.1 540 218 10 22 5 1 0.4 3.0 13 0.01
KL26-05 384 387.1 0.0091 91 0.04 2.2 570 188 23 70 5 3 1.5 4.7 18 0.01
KL26-05 387.1 390.1 0.0301 301 0.23 5.2 177 860 66 51 16 2 2.9 7.0 15 0.01
KL26-05 390.1 392.4 0.0189 189 0.35 3.6 800 850 34 57 9 4 1.4 8.0 20 0.01
KL26-05 392.4 394.4 0.0347 347 0.17 4.7 1970 710 58 66 29 3 3.6 14.2 12 0.01
KL26-05 394.4 396 0.0183 183 0.18 5.4 1410 670 20 33 14 2 1.3 7.3 14 0.01
KL26-05 396 398.5 0.0192 192 0.48 6.7 1850 950 20 40 18 2 1.7 10.7 11 0.01
KL26-05 398.5 401.6 0.0171 171 0.27 5.1 1020 750 18 40 13 2 1.3 9.0 13 0.01
KL26-05 401.6 404.4 0.0166 166 0.32 4.2 1120 930 31 39 9 3 2.5 6.0 16 0.01
KL26-05 404.4 407.5 0.151 1510 0.2 11.5 1350 1170 300 300 28 6 18.9 13.7 27 0.01
KL26-05 407.5 409.7 0.049 490 0.59 22.4 3600 3300 240 325 39 12 5.8 49.0 78 0.18
KL26-05 409.7 411.7 0.119 1190 0.13 22.7 13100 6000 430 400 22 6 23 25.5 69 0.2
KL26-05 411.7 417 0.021 210 0.21 1 550 410 9 6 2 1 1.2 3.5 9 0.01
KL26-05 417 420 0.0138 138 0.1 2 383 320 10 17 2 1 1.1 6.6 10 0.01
KL26-05 420 422.2 0.0049 49 0.22 0.1 343 179 10 4 0.01 1 0.6 3.0 11 0.01
KL26-05 422.2 425.2 0.008 80 0.1 0.1 172 187 10 3 2 1 0.5 1.7 6 0.01
KL26-05 425.2 428.3 0.0041 41 0.1 0.6 187 150 7 1 0.01 1 0.4 1.1 12 0.01
KL26-05 428.3 431.4 0.0038 38 0.12 1 470 324 15 3 0.01 1 0.6 0.8 15 0.01
KL26-05 431.4 434 0.0078 78 0.21 0.7 228 127 9 5 0.01 1 0.5 0.5 10 0.01
KL26-05 434 436.3 0.0098 98 0.19 1.4 450 303 11 3 0.01 1 1.9 1.0 15 0.01
KL26-06 0 2.6 0.0035 35 0.02 0.9 164 145 23 2 1 1 2.1 2.7 22 0.01
KL26-06 2.6 4.4 0.0045 45 0.04 0.6 116 129 19 2 0.01 1 1.5 1.4 21 0.01
KL26-06 4.4 7.4 0.0049 49 0.02 1.5 225 600 28 2 2 1 2.8 2.7 18 0.01
KL26-06 7.4 10.4 0.0346 346 0.13 21.5 3190 6200 140 26 29 2 31.3 17.9 29 0.01
KL26-06 10.4 13.4 0.006 60 0.07 0.9 200 206 21 2 0.01 1 1.7 1.8 30 0.01
KL26-06 13.4 16.4 0.0039 39 0.04 0.9 268 194 29 3 0.01 1 1.1 2.0 29 0.01
KL26-06 16.4 19.4 0.0023 23 0.03 0.1 103 38 15 2 0.01 1 1 1.3 19 0.01



Appendix V - 119 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-06 19.4 22.4 0.0032 32 0.03 0.1 125 56 13 2 0.01 1 1.1 1.0 17 0.01
KL26-06 22.4 25.4 0.002 20 0.05 0.1 51 35 9 1 0.01 1 0.8 1.1 23 0.01
KL26-06 25.4 28.4 0.0033 33 0.01 0.1 66 34 11 1 0.01 1 0.7 0.7 23 0.01
KL26-06 28.4 31.4 0.0065 65 0.02 0.1 108 38 19 1 0.01 1 1.1 2.8 34 0.01
KL26-06 31.4 34.4 0.0034 34 0.01 0.1 90 47 14 1 0.01 1 0.3 0.8 27 0.01
KL26-06 34.4 37.4 0.0033 33 0.01 0.1 126 46 10 1 0.01 1 0.3 0.8 31 0.01
KL26-06 37.4 40.4 0.0029 29 0.01 0.1 120 32 14 1 0.01 1 0.6 1.1 32 0.01
KL26-06 40.4 43.4 0.0047 47 0.01 0.1 171 87 28 1 0.01 2 0.9 4.7 42 0.01
KL26-06 43.4 45.8 0.0033 33 0.01 0.1 93 134 21 1 0.01 1 0.7 1.3 33 0.01
KL26-06 45.8 48.4 0.018 180 0.01 0.7 74 160 49 3 0.01 7 1.8 1.6 93 0.01
KL26-06 48.4 52 0.0376 376 0.49 19.3 9300 8700 150 10 6 1 30 6.3 33 0.15
KL26-06 52 55 0.0356 356 2.26 72 4400 14000 100 14 134 3 33 86.5 88 0.26
KL26-06 55 57.9 0.0171 171 0.71 14.6 1560 7000 84 25 13 1 12.8 4.3 96 0.13
KL26-06 57.9 59.9 0.0385 385 0.35 12.3 205 1420 69 7 53 1 9.8 8.1 59 0.01
KL26-06 59.9 63.1 0.0147 147 0.32 5.4 910 1030 34 10 9 1 6.4 2.8 37 0.13
KL26-06 63.1 65.1 0.0053 53 0.29 2.5 730 740 27 7 4 1 4 1.9 225 0.01
KL26-06 65.1 68.9 0.0038 38 0.17 2 189 178 29 6 3 1 6.4 2.2 222 0.01
KL26-06 68.9 71.8 0.0019 19 0.05 0.8 92 107 9 6 1 1 2.4 1.0 172 0.01
KL26-06 71.8 74.6 0.14 1400 0.02 0.1 225 118 13 14 0.01 3 0.2 0.0 15 0.01
KL26-06 74.6 77.9 0.0064 64 0.03 1 193 190 5 12 2 1 3.3 1.6 126 0.01
KL26-06 77.9 81.3 0.0038 38 0.13 1.5 251 138 22 8 1 1 3.2 0.7 118 0.01
KL26-06 81.3 84.4 0.0039 39 0.23 1.9 154 48 25 6 1 1 3.9 1.2 136 0.01
KL26-06 84.4 86.3 0.004 40 0.93 2.8 179 70 25 10 2 1 9.4 1.9 151 0.01
KL26-06 86.3 88.4 0.0035 35 0.01 1.6 114 56 15 5 7 1 2.2 0.9 48 0.01
KL26-06 88.4 91 0.005 50 0.16 14.6 200 1010 17 9 27 1 3.6 2.9 28 0.01
KL26-06 91 93.6 0.003 30 0.28 2 210 175 29 11 1 1 4.4 1.6 18 0.01
KL26-06 93.6 95.9 0.0021 21 0.17 1.3 129 318 26 8 0.01 1 3 1.3 14 0.01
KL26-06 95.9 97.4 0.001 10 0.12 1.1 294 1160 38 5 0.01 1 2.2 1.6 15 0.01
KL26-06 97.4 100.4 0.0022 22 0.03 0.9 271 379 30 5 0.01 1 1.4 0.0 13 0.01
KL26-06 100.4 115.4 0.064 640 0.35 40 24700 48000 95 5 7 1 45 22.6 26 0.12
KL26-06 115.4 117 0.0013 13 0.01 0.7 250 384 0.01 4 0.01 1 0.8 0.5 17 0.01
KL26-06 117 120.4 0.0006 6 0.02 0.6 199 298 3 3 0.01 1 0.4 0.6 17 0.01
KL26-06 120.4 122.9 0.0015 15 0.01 1.2 420 680 0.01 2 0.01 1 1 0.8 16 0.01
KL26-06 122.9 125.9 0.0022 22 0.01 2.1 1630 1340 4 3 0.01 1 1.3 0.5 14 0.01
KL26-06 125.9 128.6 0.0066 66 0.03 4.2 1500 2500 19 10 0.01 1 3.5 2.5 21 0.01
KL26-06 128.6 129.8 0.0038 38 0.01 0.6 216 280 2 2 0.01 1 0.5 0.0 21 0.01
KL26-06 129.8 132.3 0.0022 22 0.01 1.2 710 830 2 2 0.01 1 0.8 1.3 16 0.01
KL26-06 132.3 134.9 0.0016 16 0.01 1.3 520 780 1 3 0.01 1 1.1 1.2 21 0.01
KL26-06 134.9 137.9 0.0021 21 0.01 0.7 267 376 1 5 0.01 1 0.8 1.1 22 0.01
KL26-06 137.9 139.4 0.0021 21 0.01 1 227 990 0.01 1 0.01 1 1.5 1.2 24 0.01
KL26-06 139.4 141.9 0.0019 19 0.01 0.9 386 580 0.01 1 0.01 1 0.8 0.9 21 0.01
KL26-06 141.9 144.6 0.0015 15 0.01 0.1 288 371 0.01 1 0.01 1 0.5 0.5 20 0.01
KL26-06 144.6 147 0.0016 16 0.01 0.6 122 188 1 1 0.01 1 0.6 0.8 21 0.01
KL26-06 147 150 0.0013 13 0.01 0.1 54 83 1 4 0.01 3 0.2 0.0 20 0.01
KL26-06 150 152.4 0.0014 14 0.03 0.1 93 158 1 4 0.01 1 0.4 0.7 22 0.01
KL26-06 152.4 154.9 0.0014 14 0.01 0.7 228 395 22 4 0.01 1 0.7 0.0 19 0.01
KL26-06 154.9 157.3 0.0013 13 0.01 0.8 540 560 8 3 0.01 1 1.8 1.1 23 0.01
KL26-06 157.3 160.4 0.0027 27 0.01 1.7 600 1700 3 3 0.01 1 1.7 1.1 24 0.01
KL26-06 160.4 163.9 0.0009 9 0.01 0.1 116 221 1 4 0.01 1 0.4 0.5 22 0.01
KL26-06 163.9 166.4 0.0014 14 0.01 0.9 335 550 3 5 0.01 2 0.9 0.9 20 0.01
KL26-06 166.4 169.3 0.0014 14 0.01 1.8 387 530 5 10 0.01 1 1.4 1.1 11 0.01
KL26-06 169.3 172.4 0.0011 11 0.01 1 263 223 3 11 0.01 1 0.9 0.8 10 0.01
KL26-06 172.4 175.6 0.0013 13 0.01 1 372 490 2 6 0.01 1 1.1 0.8 10 0.01
KL26-06 175.6 178.4 0.0011 11 0.01 1.2 325 420 3 12 0.01 1 1.2 0.7 8 0.01
KL26-06 178.4 180 0.0009 9 0.01 0.6 197 282 2 7 0.01 1 0.6 0.7 11 0.01
KL26-06 180 182.6 0.0006 6 0.01 0.1 219 278 1 4 0.01 1 0.6 1.3 10 0.01
KL26-06 182.6 185.7 0.0012 12 0.01 0.6 165 242 1 6 0.01 1 2.3 1.0 12 0.01
KL26-06 185.7 188.5 0.0011 11 0.01 0.1 163 233 0.01 3 0.01 1 0.5 0.0 12 0.01
KL26-06 188.5 190.9 0.0012 12 0.01 2 1790 710 2 5 0.01 1 1.9 1.1 10 0.01
KL26-06 190.9 194 0.0015 15 0.01 0.6 235 246 0.01 5 0.01 1 0.5 0.5 7 0.01
KL26-06 194 196.1 0.0018 18 0.01 1 384 670 6 14 0.01 1 1 1.7 11 0.01
KL26-06 196.1 198.8 0.0219 219 0.03 1 266 480 20 10 0.01 1 1.3 2.3 18 0.01
KL26-06 198.8 201.6 0.0034 34 0.01 1.2 277 740 4 5 0.01 3 1.7 1.5 17 0.01



Appendix V - 120 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-06 201.6 204.5 0.0035 35 0.01 1.3 325 980 4 5 0.01 1 1.1 1.4 11 0.01
KL26-06 204.5 209.7 0.0025 25 0.01 0.8 317 760 1 5 0.01 1 1.1 1.2 11 0.01
KL26-06 209.7 212.9 0.0046 46 0.01 0.7 600 1100 2 11 0.01 1 0.7 2.1 11 0.01
KL26-06 212.9 215.5 0.0034 34 0.01 0.7 830 1320 5 42 0.01 1 0.8 1.8 12 0.01
KL26-06 215.5 218.6 0.0015 15 0.02 0.1 124 190 9 6 0.01 1 2.4 1.3 13 0.01
KL26-06 218.6 221.9 0.0052 52 0.01 0.1 125 206 3 6 0.01 1 0.6 2.0 12 0.01
KL26-06 221.9 223.4 0.0044 44 0.01 0.1 71 110 6 4 0.01 1 0.4 1.5 11 0.01
KL26-06 223.4 226.3 0.0016 16 0.01 0.1 130 117 2 6 0.01 1 0.4 0.7 11 0.01
KL26-06 226.3 227.9 0.002 20 0.01 0.1 82 82 3 6 0.01 1 0.5 0.9 10 0.01
KL26-06 227.9 230.7 0.0017 17 0.01 0.1 64 67 7 7 0.01 1 0.5 1.5 11 0.01
KL26-06 230.7 233.7 0.0043 43 0.01 0.9 1000 1370 1 19 0.01 1 1 3.4 14 0.01
KL26-06 233.7 236.8 0.0093 93 0.02 1.8 530 660 25 16 0.01 2 1.3 3.5 21 0.01
KL26-06 236.8 239.9 0.0227 227 0.07 3.9 4450 4430 38 15 1 1 4.5 43.0 24 0.01
KL26-06 239.9 242.9 0.061 610 0.29 17.4 30400 49400 49 222 3 5 6.3 613.0 39 0.01
KL26-06 242.9 245.9 0.0033 33 0.05 1.2 1190 1560 15 9 0.01 1 1.7 8.5 19 0.01
KL26-06 245.9 248.9 0.0082 82 0.06 1.9 1650 2040 20 13 0.01 1 3.6 9.0 26 0.01
KL26-06 248.9 251.9 0.0081 81 0.1 3.2 1950 2700 18 32 2 1 2.7 15.0 26 0.01
KL26-06 251.9 254.9 0.005 50 0.05 3.6 1230 1150 27 14 1 1 1.6 4.5 27 0.01
KL26-06 254.9 257.9 0.0057 57 0.04 7.5 730 5500 36 21 4 1 5.4 10.4 15 0.01
KL26-06 257.9 259.4 0.0148 148 0.04 7.7 7200 8900 27 18 2 1 5.2 19.0 39 0.01
KL26-06 259.4 261.9 0.0194 194 0.07 8.5 8500 5200 33 51 16 1 4.6 20.0 33 0.3
KL26-06 261.9 263.9 0.64 6400 0.99 9.7 70800 610 90 372 146 42 9.5 54.3 56 0.01
KL26-06 263.9 266.9 0.0132 132 0.11 1.8 890 1410 28 245 53 1 0.4 8.6 68 0.01
KL26-06 266.9 269.9 0.0219 219 0.28 2.6 1130 1670 39 143 19 1 0.8 7.8 50 0.01
KL26-06 269.9 272.9 0.0403 403 0.5 3.6 5200 1460 28 52 22 4 4.4 11.3 20 0.01
KL26-06 272.9 275.9 0.126 1260 0.36 3.7 25100 670 21 18 132 18 0.9 40.0 27 0.01
KL26-06 275.9 278.9 0.34 3400 0.63 4.4 47300 590 28 53 69 48 1.1 41.8 35 0.01
KL26-06 278.9 281.9 0.33 3300 1.18 4.2 37800 278 41 109 352 42 0.8 68.5 50 0.01
KL26-06 281.9 283.4 0.21 2100 0.57 2.3 1140 145 27 110 82 18 0.6 21.5 61 0.01
KL26-06 283.4 285.8 0.153 1530 1.04 1.6 6500 127 38 123 46 26 1 20.5 50 0.01
KL26-06 285.8 287.9 1.08 10800 3.99 4.7 1340 362 18 89 6 37 0.8 25.0 30 0.01
KL26-06 287.9 290.9 1.18 11800 6.4 4.4 1070 175 27 245 18 45 0.5 18.7 42 0.01
KL26-06 290.9 293.9 1.03 10300 4.03 3.9 3200 137 33 900 52 30 0.3 19.0 47 0.01
KL26-06 293.9 296.9 0.59 5900 1.7 14.4 31700 1180 30 428 81 46 0.01 29.3 26 0.01
KL26-06 296.9 300 0.64 6400 1.13 3.1 1640 122 32 3070 5 25 0.2 12.5 56 0.01
KL26-06 300 303.1 0.186 1860 0.28 2.6 7000 137 63 1610 7 13 0.2 11.3 70 0.01
KL26-06 303.1 305.9 0.66 6600 1.01 11.5 8300 66 27 180 18 34 0.4 14.0 34 0.01
KL26-06 305.9 308.9 0.146 1460 0.16 1.9 1470 15 18 10 2 15 0.5 6.0 23 0.01
KL26-06 308.9 310.4 0.25 2500 0.52 3.6 7700 20 13 11 32 28 0.2 11.9 32 0.01
KL26-06 310.4 313.4 0.148 1480 0.17 1.9 1760 20 17 105 4 9 0.01 6.0 23 0.01
KL26-06 313.4 316.4 0.222 2220 0.22 2.6 4970 11 12 10 1 15 0.2 10.0 26 0.01
KL26-06 316.4 319.4 0.303 3030 0.25 3.7 4520 430 30 57 6 14 1 20.3 31 0.01
KL26-06 319.4 322.4 0.93 9300 0.49 2 115 12 15 60 0.01 31 0.4 6.8 81 0.01
KL26-06 322.4 325.4 0.379 3790 0.33 1.5 4600 32 13 49 9 18 0.01 28.5 28 0.01
KL26-06 325.4 326.9 0.509 5090 0.35 1 159 19 4 172 0.01 24 0.01 13.7 40 0.01
KL26-06 326.9 329.9 0.29 2900 0.45 0.8 160 31 0.01 174 0.01 55 0.01 9.2 38 0.01
KL26-06 329.9 332.9 0.422 4220 1.24 1.1 169 30 2 126 2 156 0.3 14.3 45 0.01
KL26-06 332.9 335.9 0.404 4040 0.51 0.8 84 13 1 35 2 137 0.01 17.0 60 0.01
KL26-06 335.9 338.9 0.68 6800 0.76 1.3 147 48 0.01 36 0.01 47 0.01 8.0 64 0.01
KL26-06 338.9 341.9 0.69 6900 0.57 1.1 148 11 0.01 230 0.01 51 0.01 8.9 29 0.01
KL26-06 341.9 344.9 3.37 33700 1.97 4.3 385 13 0.01 321 0.01 78 0.01 11.0 27 0.01
KL26-06 344.9 347.2 3.2 32000 2.27 7.1 1480 11 1 225 0.01 153 0.01 9.3 66 0.01
KL26-06 347.2 349.4 0.56 5600 0.56 1.1 408 7 3 170 0.01 64 0.01 9.5 79 0.01
KL26-06 349.4 352.4 0.84 8400 0.37 0.9 200 1 3 183 0.01 128 0.01 15.4 341 0.01
KL26-06 352.4 355.4 0.24 2400 0.36 2.8 2900 18 20 115 12 25 0.01 37.0 14 0.01
KL26-06 355.4 358.4 2.37 23700 1.03 3.5 170 14 10 1460 0.01 35 0.01 7.4 85 0.01
KL26-06 358.4 361.4 0.76 7600 0.5 1.3 64 10 12 1210 0.01 10 0.3 10.6 78 0.01
KL26-06 361.4 364.2 0.88 8800 0.44 1.4 128 19 27 1900 0.01 12 0.3 10.4 93 0.01
KL26-08 0 3
KL26-08 3 6
KL26-08 6 9
KL26-08 9 12
KL26-08 12 15



Appendix V - 121 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-08 15 18
KL26-08 18 21
KL26-08 21 22.5
KL26-08 22.5 25.5
KL26-08 25.5 27
KL26-08 27 29.6
KL26-08 29.6 32.7
KL26-08 32.7 34.5
KL26-08 34.5 37.5
KL26-08 37.5 39
KL26-08 39 41.4
KL26-08 41.4 43.5
KL26-08 43.5 45
KL26-08 45 47.8
KL26-08 47.8 50.5
KL26-08 50.5 52.5
KL26-08 52.5 55.2
KL26-08 55.2 58.3
KL26-08 58.3 61.5
KL26-08 61.5 64
KL26-08 64 67
KL26-08 67 68.5
KL26-08 68.5 71.7
KL26-08 71.7 74.5
KL26-08 74.5 77.5
KL26-08 77.5 79.5
KL26-08 79.5 82.5
KL26-08 82.5 85.5
KL26-08 85.5 88.5
KL26-08 88.5 91.5
KL26-08 91.5 94.5
KL26-08 94.5 97.5
KL26-08 97.5 100.5
KL26-08 100.5 102.5
KL26-08 102.5 105
KL26-08 105 108
KL26-08 108 111
KL26-08 111 113.5
KL26-08 113.5 115.6
KL26-08 115.6 118.5
KL26-08 118.5 129
KL26-08 151 154
KL26-08 171.8 174
KL26-08 174 177
KL26-08 177 180
KL26-08 180 182.7
KL26-08 182.7 185.2
KL26-08 185.2 188.3
KL26-08 188.3 190.5
KL26-08 190.5 193.5
KL26-08 193.5 196.2
KL26-08 196.2 197.8
KL26-08 197.8 200.5
KL26-08 200.5 202.2
KL26-08 202.2 205.3
KL26-08 205.3 208.3
KL26-08 208.3 211.5
KL26-08 211.5 214.5
KL26-08 214.5 217.5
KL26-08 217.5 220.5
KL26-08 220.5 223.2
KL26-08 223.2 226.5
KL26-08 226.5 229.5



Appendix V - 122 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-08 229.5 232
KL26-08 232 234.8
KL26-08 234.8 237.7
KL26-08 237.7 240
KL26-08 240 243
KL26-08 243 246
KL26-08 246 249
KL26-08 249 250.5
KL26-08 250.5 253.5
KL26-08 253.5 256.5 0.0114 114 0.02 6.3 4900 4590 15 7 4 1 7.8 11.9 25 0.01
KL26-08 256.5 259.5 0.063 630 0.14 15.9 15300 12400 29 14 16 1 14 57.5 34 0.01
KL26-08 259.5 262.5 0.0083 83 0.07 4.7 1720 1740 31 80 13 2 3 23.8 31 0.01
KL26-08 262.5 265.5 0.04 400 0.09 3.5 1070 1340 38 189 28 1 0.8 6.5 80 0.01
KL26-08 265.5 268.5 0.0089 89 0.04 1.4 470 330 28 636 8 1 0.6 6.0 52 0.01
KL26-08 268.5 271.5 0.55 5500 0.47 13.2 146000 1590 22 142 340 104 1 191.0 31 0.01
KL26-08 271.5 274.5 0.61 6100 0.53 29.2 68000 3800 39 19 1760 45 2.7 136.0 22 0.01
KL26-08 274.5 277.5 0.187 1870 0.54 13.1 40600 770 24 47 370 26 1.1 137.0 26 0.01
KL26-08 277.5 280.5 0.127 1270 0.34 2.3 3300 307 48 309 100 4 6.1 33.8 54 0.01
KL26-08 280.5 282 0.27 2700 0.32 8.7 26200 720 24 66 860 31 2 181.0 21 0.01
KL26-08 282 283.8 1.17 11700 3.17 14.8 79000 700 24 80 16 99 1.4 78.5 34 0.01
KL26-08 283.8 286.1 0.52 5200 2.24 4.8 12200 124 21 68 33 45 1.4 30.3 38 0.01
KL26-08 286.1 287.8 0.145 1450 0.57 1.8 3300 59 18 85 50 7 1 21.8 21 0.01
KL26-08 287.8 290.8 0.37 3700 0.95 5.6 7200 100 11 600 71 14 1 28.8 26 0.01
KL26-08 290.8 293.8 1.18 11800 2.08 12.3 24600 51 25 425 26 67 0.4 45.0 31 0.01
KL26-08 293.8 296.8 0.51 5100 1.85 4.3 21000 27 18 171 63 48 0.6 26.0 24 0.01
KL26-08 296.8 299.8 0.118 1180 0.22 0.8 162 42 18 2060 5 3 0.3 7.3 33 0.01
KL26-08 299.8 302.8 1.04 10400 2.5 32.5 35500 4400 27 857 114 63 1.2 46.3 86 0.01
KL26-08 302.8 305.8 0.63 6300 0.84 8.1 7200 141 14 35 21 95 0.7 23.0 39 0.01
KL26-08 305.8 308.8 0.91 9100 1.44 7.7 1200 25 4 17 7 84 0.4 12.6 26 0.01
KL26-08 308.8 309.6 1.04 10400 1.02 6.9 440 55 5 6 8 165 0.3 14.0 27 0.01
KL26-08 309.6 311.8 0.24 2400 0.58 1.3 336 42 13 50 9 37 1 30.5 67 0.01
KL26-08 311.8 314.8 0.181 1810 0.37 2.7 14600 15 12 23 3 17 0.7 23.5 32 0.01
KL26-08 314.8 317.3 0.38 3800 0.5 3.8 20600 33 9 20 2 24 0.9 10.8 24 0.01
KL26-08 317.3 319.1 0.51 5100 0.63 3 490 71 8 394 2 65 0.5 30.5 34 0.01
KL26-08 319.1 320.8 0.52 5200 1.44 3.1 440 72 27 153 9 110 1.9 62.0 65 0.01
KL26-08 320.8 323.8 4.24 42400 4.42 35.4 10200 520 180 329 55 132 2.9 21.5 65 0.01
KL26-08 323.8 326.8 0.492 4920 0.58 1.4 174 28 10 196 7 38 0.6 22.5 28 0.01
KL26-08 326.8 329.8 0.92 9200 0.5 1.9 167 17 2 41 3 127 0.4 51.8 32 0.01
KL26-08 329.8 332.8 0.87 8700 1 3.8 141 21 5 73 6 91 0.3 24.2 63 0.01
KL26-08 332.8 335.8 1.04 10400 1.48 3.8 119 18 6 30 6 70 0.6 26.8 45 0.01
KL26-08 335.8 338.8 1.27 12700 1.25 4.1 130 17 2 74 2 94 0.4 22.0 60 0.01
KL26-08 338.8 341.8 3.14 31400 1.84 6.7 214 14 2 172 1 124 0.3 25.0 43 0.01
KL26-08 341.8 343.8 4.34 43400 2.72 6.2 282 30 1 890 1 123 0.2 25.0 46 0.01
KL26-08 343.8 346.8 0.93 9300 0.42 1.7 140 16 3 106 0.01 32 0.3 9.0 39 0.01
KL26-08 346.8 348.5 1.29 12900 0.54 3.2 116 9 4 172 0.01 34 0.3 10.5 62 0.01
KL26-08 348.5 351.5 0.82 8200 0.35 1.8 91 14 3 302 0.01 18 0.4 9.3 45 0.01
KL26-08 351.5 353.8 0.342 3420 0.15 1 82 14 4 120 0.01 5 0.3 18.5 87 0.01
KL26-08 353.8 355.7 1.2 12000 0.43 3.9 120 12 2 2930 0.01 19 0.2 12.0 69 0.01
KL26-08 355.7 357.6 0.449 4490 0.22 1 86 9 3 920 0.01 8 0.3 5.0 68 0.01
KL26-08 357.6 359.2 0.72 7200 0.3 1.9 94 15 3 830 0.01 15 0.3 9.8 87 0.01
KL26-08 359.2 360.7 1.37 13700 0.79 4.2 218 34 21 3020 1 20 5 11.0 78 0.01
KL26-08 360.7 362.8 0.8 8000 0.55 1.8 59 20 13 391 0.01 13 0.01 5.5 81 0.01
KL26-08 362.8 365.8 0.9 9000 0.74 2.3 70 21 3 164 1 12 0.01 7.3 67 0.01
KL26-08 365.8 368.8 1.05 10500 1.1 1.9 140 35 1 49 0.01 11 0.01 9.0 84 0.01
KL26-08 368.8 371.8 1.11 11100 0.48 1.7 122 28 0.01 96 0.01 17 0.01 5.0 83 0.01
KL26-08 371.8 374.8 0.51 5100 0.32 1.4 175 16 5 80 0.01 14 0.01 4.8 138 0.01
KL26-08 374.8 377.8 0.65 6500 0.37 1.3 73 10 1 81 0.01 13 0.01 7.3 124 0.01
KL26-08 377.8 380.8 0.8 8000 0.41 1.6 80 18 0.01 49 0.01 12 0.01 6.3 108 0.01
KL26-08 380.8 383.8 1.29 12900 0.91 2.2 78 29 1 134 0.01 11 0.01 6.0 75 0.01
KL26-08 383.8 386.8 1.34 13400 0.5 4.2 1620 670 5 102 3 14 0.4 10.0 62 0.01
KL26-08 386.8 389.8 1.44 14400 1.29 2.5 384 20 0.01 168 1 11 0.01 9.5 111 0.01
KL26-08 389.8 392.8 0.83 8300 0.93 1.7 84 35 0.01 110 0.01 11 0.01 6.5 107 0.01
KL26-08 392.8 395.8 0.96 9600 0.87 1.7 65 15 0.01 159 1 10 0.01 5.6 75 0.01



Appendix V - 123 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-08 395.8 398.8 0.78 7800 0.47 1.4 72 32 1 91 0.01 8 0.01 5.5 65 0.01
KL26-08 398.8 401.8 0.68 6800 0.67 1.4 69 28 2 57 0.01 8 0.5 5.0 74 0.01
KL26-08 401.8 404.8 0.72 7200 0.47 1.4 52 19 0.01 85 0.01 8 0.01 4.0 76 0.01
KL26-08 404.8 407.8 1.24 12400 0.51 2.3 87 18 0.01 280 0.01 10 0.01 4.5 67 0.01
KL26-08 407.8 410.8 0.68 6800 0.42 1.5 56 16 0.01 55 0.01 9 0.01 2.8 75 0.01
KL26-08 410.8 413.8 0.66 6600 0.48 1.3 71 27 1 30 0.01 10 0.01 5.3 110 0.01
KL26-08 413.8 416.8 0.91 9100 0.65 1.4 68 21 1 34 0.01 13 0.01 4.3 72 0.01
KL26-08 416.8 419.8 0.66 6600 0.58 1.5 61 15 1 44 0.01 8 0.01 5.3 132 0.01
KL26-08 419.8 422.8 0.68 6800 0.46 1.7 81 52 7 30 0.01 10 0.9 6.0 79 0.01
KL26-08 422.8 425.8 0.85 8500 0.6 2.3 90 23 2 60 0.01 16 0.01 5.8 75 0.01
KL26-08 425.8 428.8 1.2 12000 2.95 6.3 103 104 130 40 14 21 33 18.5 22 0.01
KL26-08 428.8 431.8 1.32 13200 0.62 1.7 49 14 1 69 0.01 15 0.3 10.5 34 0.01
KL26-08 431.8 434.8 1.46 14600 0.81 3.1 107 18 2 28 0.01 19 0.2 6.6 44 0.01
KL26-08 434.8 437.8 0.59 5900 0.47 2.1 50 13 2 62 0.01 15 0.3 7.5 42 0.01
KL26-08 437.8 440.8 1.14 11400 0.63 12.1 211 68 980 34 6 17 78 10.0 25 0.23
KL26-08 440.8 443.8 0.58 5800 0.64 1.9 56 40 19 580 4 20 7.3 15.9 29 0.11
KL26-08 443.8 445.2 1.07 10700 0.7 3.1 101 24 3 2300 0.01 13 0.8 9.8 54 0.01
KL26-08 445.2 446.8 0.48 4800 0.33 2.4 97 28 7 52 0.01 17 0.2 9.5 48 0.01
KL26-08 446.8 449.8 0.459 4590 0.42 2.8 94 17 2 44 2 10 0.3 7.8 54 0.01
KL26-08 449.8 453.4 0.52 5200 0.33 3.1 73 21 6 2980 0.01 10 0.6 9.5 67 0.01
KL26-08 453.4 456.8 0.8 8000 0.65 3 58 33 16 53 2 8 2.4 8.8 75 0.01
KL26-08 456.8 458.8 0.265 2650 0.78 2.5 44 48 48 24 18 9 15.5 36.5 82 0.01
KL26-08 458.8 461.8 0.55 5500 0.3 2 118 56 12 19 3 6 1.9 9.0 81 0.01
KL26-08 461.8 464.8 1.05 10500 0.42 2.8 89 39 2 31 0.01 6 0.3 4.7 101 0.01
KL26-08 464.8 467.8 0.68 6800 0.33 1.1 83 43 0.01 14 0.01 7 0.4 6.0 180 0.01
KL26-08 467.8 470.8 0.62 6200 0.33 1 110 17 0.01 16 0.01 13 0.01 7.0 176 0.01
KL26-08 470.8 473.8 0.68 6800 0.48 1.1 75 21 0.01 20 0.01 14 3 6.8 340 0.01
KL26-08 473.8 476.8 0.61 6100 0.35 1.4 123 68 0.01 12 0.01 11 0.6 6.3 305 0.01
KL26-08 476.8 479.8 0.93 9300 0.65 1.9 67 17 0.01 13 0.01 12 0.4 3.8 313 0.01
KL26-08 479.8 482.8 0.64 6400 0.3 0.9 81 48 4 8 0.01 6 0.7 4.8 390 0.01
KL26-08 482.8 485.8 0.374 3740 0.12 1 89 50 3 37 1 4 0.9 3.1 328 0.01
KL26-08 485.8 488.8 0.319 3190 0.1 1 74 32 8 34 0.01 4 0.9 4.0 270 0.01
KL26-08 488.8 494.8 0.524 5240 0.12 1.4 73 34 2 37 1 5 1.8 4.8 393 0.01
KL26-08 494.8 497.8 0.57 5700 0.25 1.9 115 42 1 24 1 5 1 5.8 288 0.01
KL26-08 497.8 500.8 0.462 4620 0.2 2.7 63 38 150 13 5 7 3.6 6.5 328 0.01
KL26-08 500.8 503.8 0.54 5400 0.22 1.7 58 32 0.01 17 1 5 0.5 5.0 335 0.01
KL26-08 503.8 506.8 0.277 2770 0.12 0.7 18 13 3 12 0.01 4 1.6 5.1 411 0.01
KL26-08 506.8 509.8 0.439 4390 0.16 1 14 10 0.01 13 2 6 0.7 5.1 379 0.01
KL26-08 509.8 512.8 0.26 2600 0.15 0.1 44 22 43 23 2 4 4.8 6.2 347 0.01
KL26-08 512.8 515.8 0.74 7400 0.36 1.5 91 32 6 19 0.01 7 0.8 5.3 335 0.01
KL26-08 515.8 518.8 0.71 7100 0.48 1.7 83 77 1 14 1 5 1.3 4.5 393 0.01
KL26-08 518.8 520.9 0.367 3670 0.11 1 50 22 7 8 0.01 3 2.5 3.8 440 0.01
KL26-08 520.9 523.9 0.3 3000 0.26 1.1 62 42 130 3 9 4 18.1 2.5 254 0.01
KL26-08 523.9 525.8 0.24 2400 0.13 1.2 35 16 30 7 3 5 6.1 19.8 540 0.01
KL26-08 525.8 527.8 0.13 1300 0.1 0.8 40 30 39 10 1 6 7.6 12.8 540 0.01
KL26-08 527.8 530.8 0.394 3940 0.39 1.1 22 18 21 30 2 6 2.8 5.8 339 0.01
KL26-08 530.8 533.8 0.91 9100 0.53 4.3 44 12 10 38 2 14 2.3 7.3 305 0.01
KL26-08 533.8 536.8 0.4 4000 0.23 0.8 50 17 2 21 0.01 10 0.4 4.6 340 0.01
KL26-08 536.8 539.8 0.516 5160 0.28 2.7 66 42 5 21 4 9 0.8 4.1 99 0.01
KL26-08 539.8 542.8 0.495 4950 0.35 1.6 42 28 15 20 1 11 1.5 7.3 420 0.01
KL26-08 542.8 545.8 0.56 5600 0.25 3 910 383 2 13 0.01 10 0.9 7.0 406 0.01
KL26-08 545.8 548.8 0.56 5600 0.47 1 72 42 3 11 0.01 7 0.8 5.8 328 0.01
KL26-08 548.8 551.8 0.58 5800 0.5 1.9 46 25 0.01 7 2 6 0.7 5.5 350 0.01
KL26-08 551.8 554.8 0.367 3670 0.36 1.1 175 66 0.01 8 0.01 4 0.2 3.2 156 0.01
KL26-08 554.8 557.8 0.384 3840 0.44 0.7 47 20 0.01 15 0.01 5 0.01 3.5 180 0.01
KL26-08 557.8 560.8 0.41 4100 0.33 0.7 30 13 1 45 0.01 7 0.01 2.9 158 0.01
KL26-08 560.8 563.8 0.34 3400 0.26 0.7 174 27 1 12 0.01 9 0.01 3.2 294 0.01
KL26-08 563.8 566.8 0.318 3180 0.27 0.6 32 13 2 9 0.01 6 0.01 2.4 144 0.01
KL26-08 566.8 569.8 0.56 5600 0.38 1.1 41 17 2 25 0.01 9 1.1 5.0 331 0.01
KL26-08 569.8 572.8 0.56 5600 0.4 1.2 58 19 1 15 0.01 9 0.7 6.0 304 0.01
KL26-08 572.8 575.8 0.32 3200 0.25 0.8 61 25 2 11 0.01 6 0.3 2.9 199 0.01
KL26-08 575.8 578.8 0.478 4780 0.33 1.2 94 38 2 7 0.01 5 0.2 3.1 91 0.01
KL26-08 578.8 580.5 0.393 3930 0.17 1.3 236 82 2 6 0.01 9 0.5 3.6 122 0.01



Appendix V - 124 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-08 580.5 583.6 0.261 2610 0.29 0.7 138 72 2 4 0.01 6 0.01 2.5 178 0.01
KL26-08 583.6 584.8 0.153 1530 0.13 0.1 36 15 1 9 0.01 3 0.01 1.7 148 0.01
KL26-08 584.8 587.8 0.367 3670 0.32 0.8 77 26 1 5 0.01 6 0.01 2.5 165 0.01
KL26-08 587.8 590.8 0.294 2940 0.27 0.6 43 18 2 5 0.01 5 0.3 2.3 332 0.01
KL26-08 590.8 593.8 0.506 5060 0.25 1.4 59 24 44 10 6 6 1.5 3.3 323 0.01
KL26-08 593.8 596.8 0.325 3250 0.26 1.5 295 170 22 58 5 7 1.4 3.1 217 0.01
KL26-08 596.8 599.8 0.416 4160 0.27 1 107 18 2 20 0.01 7 0.01 3.5 137 0.01
KL26-08 599.8 602.8 0.487 4870 0.32 1.4 141 66 6 13 0.01 6 2.7 3.6 354 0.01
KL26-08 602.8 605.8 0.339 3390 0.22 1.1 159 62 5 9 0.01 6 0.6 3.3 289 0.01
KL26-08 605.8 608.8 0.309 3090 0.22 0.8 44 15 1 15 0.01 7 0.2 2.6 159 0.01
KL26-08 608.8 611.8 0.369 3690 0.2 0.8 59 23 2 30 0.01 7 0.3 2.7 148 0.01
KL26-08 611.8 614.8 0.363 3630 0.24 0.9 40 10 0.01 19 0.01 6 0.2 3.0 165 0.01
KL26-08 614.8 617.8 0.424 4240 0.29 1.1 37 13 2 36 0.01 7 0.3 2.4 410 0.01
KL26-08 617.8 620.8 0.482 4820 0.21 0.9 40 12 1 82 0.01 8 0.01 4.5 160 0.01
KL26-08 620.8 623.8 0.49 4900 0.25 1.3 85 45 300 36 0.01 7 3.7 3.1 138 0.01
KL26-08 623.8 626.8 0.236 2360 0.14 0.7 80 18 18 12 0.01 6 0.01 2.4 116 0.01
KL26-08 626.8 629.8 0.187 1870 0.1 0.6 76 18 3 23 0.01 5 0.01 2.0 103 0.01
KL26-08 629.8 632.8 0.205 2050 0.09 0.1 55 15 3 73 0.01 5 0.01 2.0 97 0.01
KL26-08 632.8 635.8 0.31 3100 0.09 1.2 89 42 14 16 0.01 8 2.1 3.2 160 0.01
KL26-08 635.8 638.8 0.223 2230 0.07 0.6 76 24 1 15 0.01 6 0.3 3.0 105 0.01
KL26-08 638.8 641.8 0.274 2740 0.18 0.8 40 21 2 12 0.01 8 0.2 3.0 103 0.01
KL26-08 641.8 644.8 0.308 3080 0.18 0.8 53 34 1 18 0.01 7 0.01 2.4 125 0.01
KL26-08 644.8 647.8 0.3 3000 0.16 0.8 70 70 2 6 0.01 6 0.2 3.3 124 0.01
KL26-08 647.8 650.8 0.309 3090 0.18 0.7 59 22 0.01 9 0.01 7 0.01 3.0 136 0.01
KL26-08 650.8 653.8 0.287 2870 0.14 0.8 84 29 0.01 9 0.01 7 0.01 2.2 104 0.01
KL26-08 653.8 656.8 0.359 3590 0.08 1.5 226 68 75 73 1 7 2.1 2.7 87 0.01
KL26-08 656.8 659.8 0.273 2730 0.12 0.7 86 23 3 17 0.01 5 0.01 3.1 103 0.01
KL26-08 659.8 662.8 0.4 4000 0.25 1.1 490 162 350 16 2 11 36 3.4 72 0.01
KL26-08 662.8 665.8 0.253 2530 0.09 1.2 193 129 390 30 2 8 27 3.6 82 0.44
KL26-08 665.8 668.8 0.235 2350 0.05 0.8 108 78 80 25 0.01 4 6.4 3.2 108 0.1
KL26-08 668.8 671.8 0.434 4340 0.18 0.7 46 25 4 16 0.01 5 0.4 2.8 124 0.01
KL26-08 671.8 674.8 0.25 2500 0.11 0.6 63 32 4 23 0.01 6 0.7 2.5 281 0.01
KL26-08 674.8 677.8 0.23 2300 0.08 0.6 113 51 25 18 1 8 1.7 1.8 95 0.01
KL26-08 677.8 680.8 0.23 2300 0.07 0.6 66 41 1 21 0.01 9 0.5 2.6 121 0.01
KL26-08 680.8 683.8 0.286 2860 0.08 0.8 128 66 45 30 0.01 7 1.9 2.4 120 0.01
KL26-08 683.8 686.8 0.194 1940 0.05 0.1 87 43 2 13 0.01 8 0.3 1.6 125 0.01
KL26-08 686.8 689.8 0.18 1800 0.03 0.1 54 39 1 15 0.01 6 0.7 2.0 127 0.01
KL26-09 0 4 0.003 30 0.01 0.1 49 48 7 1 0.01 1 0.6 2.1 25 0.01
KL26-09 4 7 0.0024 24 0.01 0.1 49 38 4 2 0.01 1 0.7 2.3 27 0.01
KL26-09 7 10 0.0022 22 0.01 0.1 29 16 4 1 0.01 1 0.2 3.5 43 0.01
KL26-09 10 13 0.003 30 0.01 0.1 20 15 3 3 0.01 1 0.3 1.5 30 0.01
KL26-09 13 16 0.0025 25 0.01 0.1 19 16 6 1 0.01 1 0.5 2.0 25 0.01
KL26-09 16 19 0.0074 74 0.04 0.1 35 23 4 4 0.01 1 0.5 1.5 26 0.01
KL26-09 19 22 0.0022 22 0.01 0.1 47 24 5 2 0.01 1 0.4 3.3 27 0.01
KL26-09 22 25 0.0108 108 0.01 0.1 39 53 6 3 0.01 1 0.5 1.3 38 0.01
KL26-09 25 28 0.0172 172 0.01 0.1 48 182 8 5 0.01 2 0.8 3.5 57 0.01
KL26-09 28 31 0.0059 59 0.01 0.6 43 63 14 5 0.01 4 1.8 3.3 88 0.01
KL26-09 31 34 0.0232 232 0.13 0.9 230 170 45 14 0.01 5 3 5.0 100 0.01
KL26-09 34 37 0.078 780 0.79 40 10600 8000 200 10 7 3 21.5 155.0 32 0.26
KL26-09 37 40 0.0269 269 0.13 8.6 2400 1560 73 17 6 1 5.8 71.3 39 0.01
KL26-09 40 42.5 0.022 220 0.61 27.8 8500 5300 150 48 15 1 8.5 44.8 95 0.1
KL26-09 42.5 45.3 0.17 1700 0.04 0.8 59 25 7 1160 0.01 21 0.4 0.0 18 0.01
KL26-09 45.3 48.3 0.005 50 0.09 1.6 206 1120 15 18 0.01 1 5 3.5 40 0.01
KL26-09 48.3 51.5 0.0146 146 0.08 1 128 680 20 21 0.01 1 3 4.0 96 0.01
KL26-09 51.5 53.7 0.0046 46 0.01 0.6 134 1100 8 5 0.01 1 1.5 1.0 60 0.01
KL26-09 53.7 56.5 0.0047 47 0.01 0.5 85 890 16 7 0.01 1 2.6 2.2 58 0.01
KL26-09 56.5 59.7 0.0045 45 0.02 0.1 89 373 9 5 0.01 1 1.8 2.2 44 0.01
KL26-09 59.7 62.5 0.0076 76 0.05 4.3 870 5900 10 3 1 1 6.5 4.5 71 0.01
KL26-09 62.5 65.5 0.0079 79 0.01 1 95 398 7 2 0.01 1 2.3 0.5 17 0.01
KL26-09 65.5 68.5 0.0117 117 0.02 0.9 106 420 7 12 0.01 1 2 0.0 16 0.01
KL26-09 68.5 71.5 0.0091 91 0.03 0.9 51 389 6 12 0.01 1 2.1 2.2 10 0.01
KL26-09 71.5 74.9 0.0053 53 0.01 1.2 59 218 6 9 0.01 1 1.4 1.0 18 0.01
KL26-09 74.9 77.5 0.0094 94 0.01 0.1 29 36 1 3 0.01 1 0.2 0.5 25 0.01



Appendix V - 125 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-09 77.5 80.5 0.0036 36 0.01 0.1 42 69 8 3 0.01 1 1.5 3.0 15 0.01
KL26-09 80.5 83.5 0.0095 95 0.05 2.6 57 770 24 5 0.01 1 3.9 0.6 40 0.01
KL26-09 83.5 86.5 0.0079 79 0.07 4.6 146 1300 12 6 0.01 1 1.6 2.2 27 0.01
KL26-09 86.5 90.1 0.0067 67 0.03 1.1 76 350 3 6 0.01 1 0.4 1.8 16 0.01
KL26-09 90.1 93.6 0.0088 88 0.06 2.2 174 620 9 9 1 1 1 2.8 17 0.01
KL26-09 93.6 97 0.0067 67 0.02 2.1 271 1030 5 3 0.01 1 1.2 1.8 22 0.01
KL26-09 97 100 0.0111 111 0.05 3.9 128 1470 26 4 0.01 1 1.8 4.9 18 0.01
KL26-09 100 103 0.0062 62 0.06 2.3 27 378 23 3 1 1 1.5 2.5 20 0.01
KL26-09 103 106.6 0.0048 48 0.05 2.5 62 272 18 3 0.01 1 1 3.8 28 0.01
KL26-09 106.6 109.8 0.066 660 0.06 1.8 560 650 10 7 0.01 1 1.1 3.0 34 0.01
KL26-09 109.8 112 0.0048 48 0.02 2.2 39 375 9 3 0.01 1 1.2 1.6 29 0.01
KL26-09 112 115 0.0032 32 0.02 1.7 49 283 7 5 1 1 0.8 3.3 28 0.01
KL26-09 115 118 0.0018 18 0.03 1.3 36 143 2 2 0.01 1 0.5 1.0 30 0.01
KL26-09 118 120.6 0.0037 37 0.04 2.7 44 224 6 4 3 1 0.6 2.5 31 0.01
KL26-09 120.6 123.2 0.0024 24 0.05 2.9 87 295 8 2 3 1 0.8 1.5 30 0.01
KL26-09 123.2 126.5 0.0017 17 0.03 0.9 27 102 4 1 0.01 1 0.3 0.9 29 0.01
KL26-09 126.5 129.1 0.0032 32 0.03 2.3 42 308 6 3 0.01 1 2.6 1.8 36 0.01
KL26-09 129.1 132.4 0.0371 371 0.04 1.3 108 420 4 3 0.01 1 0.6 1.4 35 0.01
KL26-09 132.4 135.4 0.0044 44 0.01 1.1 33 172 5 2 0.01 1 0.4 0.8 27 0.01
KL26-09 135.4 138.4 0.0371 371 0.05 3.5 329 540 12 13 1 1 1.1 3.5 29 0.01
KL26-09 138.4 140.7 0.0017 17 0.06 2.7 265 353 5 5 0.01 1 0.9 2.0 18 0.01
KL26-09 140.7 143 0.0014 14 0.03 2.4 99 325 6 9 0.01 1 0.7 2.5 17 0.01
KL26-09 143 145.6 0.0058 58 0.21 11.1 166 299 35 11 0.01 1 3.1 11.0 16 0.01
KL26-09 145.6 148.1 0.0044 44 0.07 6.2 840 1330 8 10 0.01 1 2.3 4.2 15 0.01
KL26-09 148.1 151 0.0031 31 0.02 2.7 216 352 6 8 0.01 1 1 1.8 22 0.01
KL26-09 151 153.8 0.0019 19 0.01 1.6 102 193 3 6 0.01 1 0.8 1.0 18 0.01
KL26-09 153.8 156.2 0.0016 16 0.01 2.1 220 730 7 3 0.01 1 0.8 1.0 18 0.01
KL26-09 156.2 160 0.0031 31 0.02 2.5 359 660 5 4 0.01 1 1.2 1.5 19 0.01
KL26-09 160 163.1 0.0032 32 0.01 2.6 232 680 4 4 0.01 1 0.9 1.4 14 0.01
KL26-09 163.1 165.7 0.0113 113 0.02 2.6 309 780 4 7 0.01 1 1 2.8 16 0.01
KL26-09 165.7 170.5 0.0025 25 0.01 2.1 102 180 2 3 0.01 1 0.3 1.3 15 0.01
KL26-09 170.5 173.5 0.0045 45 0.02 6.2 77 363 13 3 3 1 0.6 2.2 20 0.01
KL26-09 173.5 176.5 0.002 20 0.03 2 101 164 7 11 0.01 1 1.2 5.8 24 0.01
KL26-09 176.5 179.5 0.0021 21 0.01 1.7 128 118 2 6 0.01 1 1.3 1.3 19 0.01
KL26-09 179.5 182.2 0.0045 45 0.01 1.6 141 128 6 5 0.01 1 0.8 1.2 18 0.01
KL26-09 182.2 188.8 0.0019 19 0.03 1.5 133 168 5 3 0.01 1 0.6 1.4 16 0.01
KL26-09 188.8 193 0.0015 15 0.02 0.7 53 64 5 9 0.01 1 0.3 1.1 17 0.01
KL26-09 193 196 0.0029 29 0.06 1.8 173 234 8 4 0.01 1 0.7 1.5 15 0.01
KL26-09 196 198.5 0.0175 175 0.14 23.3 5800 14800 13 107 3 1 6.3 28.5 21 0.29
KL26-09 198.5 201.5 0.0058 58 0.04 1.6 560 1380 17 17 0.01 1 1.7 1.0 24 0.01
KL26-09 201.5 204.3 0.0316 316 0.1 20 6600 10700 37 12 6 1 13.2 20.3 19 0.48
KL26-09 204.3 208 0.0061 61 0.11 4.2 2700 2450 13 48 8 1 2.1 8.0 18 0.1
KL26-09 208 211 0.0059 59 0.4 17.1 4600 12400 20 72 28 1 3.6 23.0 18 0.19
KL26-09 211 214 0.0017 17 0.08 1.3 157 680 6 15 2 1 0.2 2.0 21 0.01
KL26-09 214 217 0.0029 29 0.06 1.1 950 930 14 9 1 1 0.01 2.2 15 0.01
KL26-09 217 220 0.0219 219 0.14 1.6 860 630 25 21 2 1 0.7 3.5 27 0.15
KL26-09 220 223 0.05 500 0.13 8.2 980 1410 67 16 10 1 3.4 6.3 20 0.13
KL26-09 223 226 1.27 12700 1.09 22.1 13600 2700 140 21 11 15 3.1 32.7 71 0.51
KL26-09 226 229.8 0.189 1890 0.4 5.8 279 109 61 720 92 14 3.9 18.5 81 0.01
KL26-09 229.8 233.4 0.32 3200 0.71 8.1 299 66 120 780 110 6 3.7 11.5 185 0.15
KL26-09 233.4 236.5 0.95 9500 1.92 22.3 168 39 49 1000 96 17 2.1 20.3 65 0.12
KL26-09 236.5 239.5 0.8 8000 1.85 17.3 164 46 29 292 161 10 1.4 47.0 34 0.01
KL26-09 239.5 242.6 1.01 10100 1.67 16.1 104 34 26 1720 165 14 1.5 16.1 33 0.01
KL26-09 242.6 245.5 0.9 9000 1.58 16 162 32 13 470 68 22 1.2 15.3 45 0.01
KL26-09 245.5 248.5 0.88 8800 3.05 25.1 147 31 25 2200 113 21 1.5 13.0 46 0.01
KL26-09 248.5 251.5 0.4 4000 1.4 11.1 107 34 22 118 44 11 1 11.5 53 0.01
KL26-09 251.5 254.5 0.91 9100 1.22 23.4 209 46 30 35 52 18 1 21.3 47 0.01
KL26-09 254.5 257.5 0.54 5400 1.01 11.4 122 57 25 36 34 10 1.6 14.0 27 0.01
KL26-09 257.5 260.5 0.76 7600 2.15 13.3 1420 62 40 8 30 12 2 14.5 38 0.01
KL26-09 260.5 263.5 1.52 15200 2.38 15.7 6700 38 58 17 37 35 1.3 53.8 52 0.01
KL26-09 263.5 266.5 0.49 4900 0.67 3.2 156 32 36 185 10 16 2.3 23.3 48 0.01
KL26-09 266.5 269.5 0.39 3900 0.94 2.9 153 50 30 2160 27 35 3.2 62.8 95 0.01
KL26-09 269.5 272.5 0.35 3500 1.1 4 127 27 32 1550 31 6 2.9 45.3 94 0.15



Appendix V - 126 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-09 272.5 274 3.25 32500 4.02 22.4 345 34 130 118 9 101 2 33.0 84 0.32
KL26-09 274 277 2.79 27900 2.18 20.9 347 27 220 26 49 73 0.7 32.0 83 0.39
KL26-09 277 280 2.97 29700 3.72 20.7 770 26 180 118 78 69 0.8 35.0 149 0.58
KL26-09 280 283 1.2 12000 1.4 9.5 247 38 54 680 55 16 1.2 56.0 138 0.21
KL26-09 283 286 1.99 19900 2.66 13.2 334 81 80 207 104 87 1.6 64.0 121 0.38
KL26-09 286 289 1.47 14700 2.44 10.7 289 46 80 260 52 70 1.2 68.0 182 0.72
KL26-09 289 292 3 30000 2.5 19.8 362 46 220 64 56 200 0.7 44.0 89 0.75
KL26-09 292 295 1.01 10100 1.84 12.8 200 30 54 690 31 62 0.5 73.0 225 0.57
KL26-09 295 298 2.29 22900 2.7 15.7 245 26 65 395 48 113 0.5 59.0 107 0.71
KL26-09 298 300.3 2.61 26100 3.86 23.7 418 118 85 1150 57 71 1.9 34.0 112 0.23
KL26-09 300.3 303.3 2.12 21200 4.48 18.8 490 198 170 1570 33 122 1.9 69.5 185 0.16
KL26-09 303.3 305.3 4.74 47400 3.6 31.9 600 32 68 72 57 287 0.7 30.0 190 0.17
KL26-09 305.3 306.9 5.3 53000 2.58 31 860 36 100 210 56 288 1.3 26.3 80 0.21
KL26-09 306.9 308.5 1.5 15000 1.5 12.3 2010 37 250 15 37 237 2.4 30.0 56 0.18
KL26-09 308.5 311.5 1.26 12600 1.98 14.5 7100 34 260 97 34 220 3.5 47.3 101 0.56
KL26-09 311.5 314.5 1.25 12500 1.5 9.8 580 24 23 5 21 69 1.2 15.2 55 0.17
KL26-09 314.5 319.5 2.72 27200 1.94 21.4 3000 164 190 173 41 63 2.4 41.0 141 0.72
KL26-09 319.5 321.7 0.56 5600 1.68 7.3 1600 407 500 200 1430 6 16 56.0 130 0.36
KL26-09 321.7 324.3 0.88 8800 2.7 9.9 880 331 310 1510 140 11 10.9 49.5 76 0.37
KL26-09 324.3 329.5 1 10000 1.62 9.5 4600 300 370 252 112 31 3.1 80.0 70 0.28
KL26-09 329.5 330.7 0.165 1650 0.49 9.8 14400 1100 450 146 54 4 3.8 24.5 41 0.1
KL26-09 330.7 334 0.51 5100 1.12 11.8 10300 2100 370 308 140 14 4.1 87.5 91 0.16
KL26-09 334 340 0.42 4200 0.79 10.9 10400 2400 180 104 56 8 3.4 43.0 53 0.19
KL26-09 361 364 0.041 410 0.26 7.7 3400 3800 180 64 21 4 3.8 40.1 18 0.01
KL26-09 364 367 0.0103 103 0.06 0.1 270 148 10 8 2 1 0.4 2.3 14 0.01
KL26-09 367 370 0.0062 62 0.06 0.5 268 95 11 20 20 1 0.4 3.8 14 0.01
KL26-09 370 372 1.91 19100 1.42 9.6 1270 84 10 7 5 35 0.5 19.0 18 0.01
KL26-09 372 376 2.23 22300 1.44 34 2080 1030 43 88 5 25 0.7 10.0 14 0.01
KL26-09 376 379 0.0362 362 0.06 1.4 274 214 14 27 4 3 1.9 2.3 11 0.01
KL26-09 379 382 0.0166 166 0.07 1.9 401 200 12 34 46 1 1 2.9 12 0.01
KL26-09 382 386.3 0.0101 101 0.05 1.4 316 172 10 18 30 1 0.3 2.1 14 0.01
KL26-09 386.3 389.3 0.0261 261 0.14 12.1 5000 10300 37 40 16 2 6.2 53.0 18 0.01
KL26-09 389.3 392.3 0.0074 74 0.07 1.1 980 460 22 19 2 2 0.8 2.0 19 0.01
KL26-09 392.3 395.3 0.004 40 0.04 0.6 120 110 12 7 0.01 1 0.4 1.8 14 0.01
KL26-09 395.3 398.3 0.0094 94 0.05 1.1 378 610 16 25 2 3 0.8 4.8 15 0.01
KL26-09 398.3 401.3 0.0042 42 0.01 0.1 121 54 10 18 1 2 0.01 1.5 16 0.01
KL26-09 401.3 404.3 0.0045 45 0.02 0.1 95 48 11 4 0.01 2 0.2 2.3 15 0.01
KL26-09 404.3 407.3 0.0076 76 0.03 0.1 60 59 22 8 0.01 3 1 0.9 18 0.01
KL26-09 407.3 410 0.0045 45 0.06 0.1 73 45 34 2 0.01 2 0.7 1.8 18 0.01
KL26-09 410 413.1 0.0024 24 0.06 0.1 56 32 30 1 0.01 2 0.8 1.3 20 0.01
KL26-09 413.1 416.3 0.0031 31 0.09 0.1 120 51 40 1 0.01 1 0.9 1.7 24 0.01
KL26-09 416.3 418.1 0.0108 108 0.04 0.8 171 87 21 6 1 1 0.6 3.7 15 0.01
KL26-10 0 2.3 0.0123 123 0.02 0.1 40 31 10 1 0.01 1 1.2 1.3 22 0.01
KL26-10 2.3 4.3 0.0038 38 0.01 0.1 52 47 6 1 0.01 1 1.6 1.1 20 0.01
KL26-10 4.3 7.3 0.0053 53 0.02 0.1 45 51 10 1 1 1 1.7 1.3 21 0.01
KL26-10 7.3 10.3 0.0194 194 0.14 24.2 4900 3000 68 10 40 1 13.8 12.1 19 0.17
KL26-10 10.3 13.3 0.0065 65 0.01 0.8 46 107 8 10 0.01 1 2.9 2.3 25 0.01
KL26-10 13.3 16.3 0.0051 51 0.02 0.1 50 50 4 1 0.01 1 1 1.3 32 0.11
KL26-10 16.3 19.3 0.0067 67 0.02 0.1 21 26 7 1 0.01 1 1.1 0.8 34 0.1
KL26-10 19.3 22.3 0.0048 48 0.01 0.1 35 34 7 1 0.01 1 0.9 1.2 27 0.01
KL26-10 22.3 25.3 0.0026 26 0.03 0.1 24 42 3 1 0.01 1 0.4 1.7 26 0.01
KL26-10 25.3 28.3 0.0034 34 0.03 0.9 31 124 4 1 0.01 1 0.8 2.0 18 0.01
KL26-10 28.3 31.3 0.003 30 0.01 0.7 22 61 3 1 0.01 1 0.4 1.2 23 0.01
KL26-10 31.3 32.8 0.0068 68 0.01 0.1 36 64 2 1 0.01 1 0.7 1.6 24 0.01
KL26-10 32.8 35.8 0.014 140 0.01 0.1 25 21 6 1 0.01 1 0.4 2.1 36 0.01
KL26-10 35.8 37.3 0.0041 41 0.01 0.1 20 25 12 1 0.01 1 0.5 1.0 22 0.01
KL26-10 37.3 40.3 0.0023 23 0.01 0.1 25 20 4 1 0.01 1 0.7 2.1 23 0.01
KL26-10 40.3 43.3 0.0045 45 0.01 1.8 114 309 7 1 3 2 0.8 8.7 20 0.01
KL26-10 43.3 44.8 0.0075 75 0.01 0.1 80 31 13 1 0.01 3 0.4 0.6 48 0.01
KL26-10 44.8 47.8 0.0025 25 0.03 1.5 172 132 7 1 0.01 2 1.1 2.2 74 0.01
KL26-10 47.8 50.8 0.0067 67 0.01 0.1 57 45 6 1 0.01 2 0.8 1.0 44 0.01
KL26-10 50.8 53.8 0.004 40 0.01 0.1 34 35 9 1 0.01 2 1.7 1.5 126 0.01
KL26-10 53.8 56.8 0.041 410 0.01 1.4 56 630 30 7 0.01 5 2.2 3.1 122 0.01



Appendix V - 127 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-10 56.8 58.4 0.0352 352 0.13 18.7 600 3700 51 4 16 5 6.1 21.8 86 0.01
KL26-10 58.4 61.6 0.0074 74 0.01 7 1410 2600 17 1 9 1 3.6 4.8 12 0.01
KL26-10 61.6 64.6 0.0051 51 0.07 6.7 1700 4800 11 20 2 1 6.3 3.7 17 0.01
KL26-10 64.6 67.3 0.0078 78 0.12 13.4 394 1970 10 16 20 1 5.5 43.0 27 0.01
KL26-10 67.3 70.3 0.098 980 0.92 139 4000 26300 130 15 74 1 25 124.0 64 0.01
KL26-10 70.3 76.3 0.0217 217 0.29 10.6 167 710 44 10 26 1 2 7.0 28 0.01
KL26-10 76.3 80.6 0.0176 176 0.07 13.8 376 1090 4 10 30 1 0.8 7.7 52 0.01
KL26-10 80.6 82.9 0.0147 147 0.09 1.4 41 105 15 20 2 1 1 1.1 36 0.01
KL26-10 82.9 85.6 0.0035 35 0.07 0.8 46 65 23 10 0.01 1 1.1 0.0 113 0.01
KL26-10 85.6 88.3 0.0049 49 0.03 0.1 61 80 15 2 0.01 1 0.7 0.0 170 0.01
KL26-10 88.3 91.3 0.0126 126 0.07 3.1 319 540 24 4 2 1 2.7 2.6 145 0.01
KL26-10 91.3 94.3 0.0033 33 0.01 0.1 45 110 3 2 0.01 1 0.5 0.0 205 0.01
KL26-10 94.3 97.3 0.004 40 0.01 0.8 123 68 16 8 0.01 1 2.4 0.0 87 0.01
KL26-10 97.3 100.3 0.0074 74 0.01 0.8 115 120 9 12 0.01 1 2.7 0.0 53 0.01
KL26-10 100.3 103.3 0.007 70 0.01 0.7 75 157 5 6 0.01 1 1.7 0.0 118 0.01
KL26-10 103.3 104.7 0.0038 38 0.01 0.7 186 240 2 4 0.01 1 0.7 1.0 177 0.01
KL26-10 104.7 107.8 0.0013 13 0.01 0.7 63 307 4 4 0.01 1 1.5 0.5 108 0.01
KL26-10 107.8 110.8 0.0016 16 0.01 0.1 92 54 2 3 0.01 1 0.5 1.0 162 0.01
KL26-10 110.8 113.8 0.0019 19 0.01 0.1 85 100 2 4 0.01 1 0.6 0.8 117 0.01
KL26-10 113.8 116.8 0.0018 18 0.01 0.1 24 27 2 4 0.01 1 0.3 0.0 97 0.01
KL26-10 116.8 119.8 0.0023 23 0.01 0.1 35 50 2 6 0.01 1 0.5 1.0 84 0.01
KL26-10 119.8 122.8 0.0014 14 0.01 0.1 20 27 2 3 0.01 1 0.01 0.0 65 0.01
KL26-10 122.8 125.8 0.0053 53 0.01 0.1 20 25 3 7 0.01 1 0.01 0.0 12 0.01
KL26-10 125.8 127.3 0.0041 41 0.01 0.1 32 54 5 8 0.01 1 0.6 0.0 11 0.01
KL26-10 127.3 129.3 0.0055 55 0.01 1.7 132 174 22 4 0.01 1 4.3 0.0 12 0.01
KL26-10 129.3 131.4 0.0068 68 0.01 1.4 94 134 7 7 0.01 1 1.5 0.0 11 0.01
KL26-10 131.4 134.6 0.003 30 0.01 0.1 35 61 4 6 0.01 1 0.5 0.0 11 0.01
KL26-10 134.6 137.5 0.0034 34 0.01 0.1 26 27 4 2 0.01 1 0.01 0.0 11 0.01
KL26-10 137.5 139.9 0.0036 36 0.01 1.2 69 78 7 3 0.01 1 1.3 0.6 14 0.01
KL26-10 139.9 142.7 0.0058 58 0.05 0.5 103 150 5 1 0.01 1 0.9 0.0 19 0.01
KL26-10 142.7 145.1 0.0115 115 0.6 12 470 780 36 15 0.01 1 8.6 3.2 30 0.01
KL26-10 145.1 148.3 0.0045 45 0.15 2.5 730 730 8 7 0.01 1 5 2.8 33 0.01
KL26-10 148.3 151.3 0.0028 28 0.21 1.5 450 570 4 1 0.01 1 3.8 2.4 23 0.01
KL26-10 151.3 154.3 0.0034 34 0.34 1.4 78 184 3 4 0.01 1 3.2 1.8 19 0.01
KL26-10 154.3 156.7 0.0033 33 0.3 1.5 105 165 24 2 0.01 1 3.4 2.1 24 0.01
KL26-10 156.7 159.9 0.014 140 0.1 19 7600 7300 19 5 0.01 1 13.9 5.4 21 0.15
KL26-10 159.9 162 0.006 60 0.06 3.3 92 321 35 4 0.01 1 2 1.3 23 0.01
KL26-10 162 164.8 0.0085 85 0.13 12.7 220 384 290 6 0.01 1 3.3 1.4 24 0.01
KL26-10 164.8 167.6 0.0065 65 0.05 8.2 810 2070 8 1 0.01 1 4.5 2.6 19 0.01
KL26-10 167.6 170.8 0.0135 135 0.01 33 710 6400 28 1 0.01 1 18.6 4.4 23 0.01
KL26-10 170.8 173.8 0.0084 84 0.03 32 2800 13300 14 1 0.01 1 25.8 4.4 24 0.01
KL26-10 173.8 176.8 0.002 20 0.02 1 32 162 5 2 0.01 1 1.2 0.0 19 0.01
KL26-10 176.8 178.3 0.0031 31 0.04 3.8 590 780 5 6 1 1 7.4 1.3 24 0.01
KL26-10 178.3 181.1 0.0034 34 0.05 4.7 179 1110 6 3 2 1 4.9 1.3 26 0.01
KL26-10 181.1 184.2 0.0081 81 0.04 12.1 73 1880 27 4 1 1 6 2.1 24 0.01
KL26-10 184.2 186.8 0.0074 74 0.04 10.1 1000 2700 37 1 0.01 1 9.2 3.1 21 0.01
KL26-10 186.8 189.8 0.004 40 0.03 3.3 120 650 14 1 1 1 5.3 1.4 29 0.01
KL26-10 189.8 191.4 0.045 450 0.1 72 18500 3700 140 3 1 1 42.5 6.7 28 0.7
KL26-10 191.4 194.6 0.0114 114 0.02 11 175 193 41 3 3 1 5 3.5 20 0.01
KL26-10 194.6 196.2 0.0054 54 0.03 2.5 158 257 13 4 3 1 1.4 1.3 24 0.01
KL26-10 196.2 199.3 0.004 40 0.03 3.2 303 185 15 5 2 1 1.7 1.2 22 0.01
KL26-10 199.3 202.3 0.0025 25 0.04 1.7 46 140 9 21 3 1 1.2 1.4 27 0.01
KL26-10 202.3 204.4 0.0025 25 0.16 3.1 378 620 40 32 2 1 6.8 1.6 36 0.01
KL26-10 204.4 210 0.0114 114 0.1 31 7900 5500 25 37 5 1 38.3 9.4 30 0.23
KL26-10 210 213 0.0058 58 0.04 2.7 620 430 8 8 3 1 2.3 2.5 23 0.01
KL26-10 213 216 0.0075 75 0.05 4.3 670 2600 14 18 1 1 4.7 2.3 13 0.01
KL26-10 216 219 0.005 50 0.05 4.4 930 2100 12 6 1 1 3.2 3.3 11 0.01
KL26-10 219 222.2 0.0031 31 0.06 1.4 355 500 4 5 0.01 1 1.4 1.6 12 0.01
KL26-10 222.2 226 0.0037 37 0.04 3.2 980 1540 9 17 0.01 1 3.1 0.9 10 0.01
KL26-10 226 229 0.0032 32 0.03 1.3 170 650 8 7 0.01 1 1.5 0.6 11 0.01
KL26-10 229 231 0.0048 48 0.04 1.6 550 810 9 13 0.01 1 1.8 1.1 9 0.01
KL26-10 231 234 0.0054 54 0.09 1.2 560 740 9 84 0.01 1 4.1 2.3 16 0.01
KL26-10 234 237.2 0.0043 43 0.04 1.1 420 530 12 39 2 1 0.9 1.8 13 0.01



Appendix V - 128 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-10 237.2 240 0.0047 47 0.03 1.4 660 770 8 36 1 1 1.6 1.9 10 0.01
KL26-10 240 242.7 0.0059 59 0.03 1.1 167 261 13 32 2 1 0.8 1.2 10 0.01
KL26-10 242.7 245 0.0055 55 0.02 1.4 162 970 8 32 2 1 1.5 1.5 12 0.01
KL26-10 245 247 0.0093 93 0.08 1.9 940 1100 9 95 2 1 1.3 1.3 11 0.01
KL26-10 247 249.6 0.0104 104 0.02 12 730 3800 25 63 26 1 3.2 8.4 10 0.01
KL26-10 249.6 252 0.0093 93 0.04 2.6 630 1290 11 67 4 1 2 3.5 13 0.01
KL26-10 252 255 0.0119 119 0.02 5.2 1610 2500 12 32 7 1 3.9 3.4 10 0.01
KL26-10 255 258 0.0034 34 0.11 0.9 260 274 16 21 1 1 1.4 2.5 14 0.01
KL26-10 258 261 0.0166 166 0.05 4.6 1850 2000 30 73 3 1 5 4.3 11 0.01
KL26-10 261 264 0.0178 178 0.07 3.5 1010 388 31 147 3 1 3.4 2.6 10 0.1
KL26-10 264 267 0.0421 421 0.07 5.7 1870 510 89 215 5 2 10.3 4.5 11 0.13
KL26-10 267 270 0.24 2400 0.48 30 12100 8300 250 537 32 7 22 26.3 30 0.24
KL26-10 270 272 0.06 600 0.12 11.4 4590 1020 150 690 7 8 16 9.1 22 0.22
KL26-10 272 274.6 0.048 480 0.11 4.3 1030 401 150 870 7 3 13.4 5.8 26 0.01
KL26-10 274.6 277 0.072 720 0.08 8.9 4270 1030 210 447 12 4 18.2 7.5 18 0.17
KL26-10 277 279.8 0.097 970 0.13 8.1 6800 550 270 800 7 6 26 6.8 16 0.34
KL26-10 279.8 283 0.091 910 0.15 9.4 4810 2030 150 749 14 6 12.8 12.6 23 0.35
KL26-10 283 285.9 0.073 730 0.12 16.9 3650 1550 170 690 6 4 34 7.8 16 0.12
KL26-10 285.9 288 0.091 910 0.15 11.3 5120 1730 170 650 9 5 21 10.5 19 0.16
KL26-10 288 291 0.047 470 0.11 9.1 3340 1570 120 660 8 4 21 8.5 15 0.01
KL26-10 291 294 0.065 650 0.14 17.9 5030 1660 160 970 8 9 33 9.3 13 0.12
KL26-10 294 297 0.166 1660 0.52 30.8 6800 3800 100 387 8 15 45 25.5 30 0.14
KL26-10 297 300 0.075 750 0.18 40 17200 11400 160 810 6 7 26 12.5 29 0.18
KL26-10 300 303 0.11 1100 0.17 49 11900 8700 110 1270 20 9 21 11.0 29 0.01
KL26-10 303 306 0.064 640 0.09 12.5 2780 4730 60 840 7 7 9.5 16.8 26 0.01
KL26-10 306 309 0.077 770 0.1 36 17500 5800 44 407 53 5 5.6 49.0 28 0.14
KL26-10 309 312 0.31 3100 0.13 27.2 14400 13300 64 990 22 20 8 6.0 39 0.51
KL26-10 312 315 0.85 8500 0.2 38 12800 7900 100 740 27 34 4.5 16.3 32 0.68
KL26-10 315 318 0.095 950 0.19 14 4770 3090 99 650 14 9 10 18.5 24 0.41
KL26-10 318 321 0.156 1560 0.2 17.2 10300 9100 47 305 19 6 3.9 30.5 37 0.23
KL26-10 321 322.5 0.144 1440 0.25 16.2 9000 8800 110 67 23 9 4.5 15.5 26 0.22
KL26-10 322.5 324 1.83 18300 1.82 91 82000 17500 500 397 223 68 9.5 263.0 80 1.3
KL26-10 324 327 0.88 8800 0.78 30 23900 1310 350 399 110 19 4.8 178.0 143 0.25
KL26-10 327 330 0.48 4800 1.96 78 121000 30300 190 141 184 36 14.1 302.0 111 0.12
KL26-10 330 333 0.67 6700 1.46 132 95000 24900 260 150 410 28 5.3 313.0 91 0.19
KL26-10 333 334.4 0.47 4700 0.84 8.5 14900 1600 200 2170 24 57 4.9 88.0 112 0.1
KL26-10 334.4 336 0.081 810 0.16 3.5 1770 1680 58 328 12 4 2.1 24.0 81 0.01
KL26-10 336 339 0.176 1760 0.37 13.6 15800 5900 65 550 19 12 6.3 48.0 63 0.01
KL26-10 339 341.5 0.209 2090 0.58 7.3 3040 1470 90 870 30 7 2.9 56.2 74 0.01
KL26-10 341.5 343.2 0.8 8000 1.35 136 120000 104600 280 880 136 21 110 120.0 88 0.28
KL26-10 343.2 345 0.24 2400 0.92 45 35300 29100 170 770 59 12 30 79.5 80 0.1
KL26-10 345 348 0.068 680 0.43 32.4 15800 19600 110 167 30 14 18 60.0 44 0.01
KL26-10 348 351 0.48 4800 1 65 22000 19100 360 364 44 15 22 51.0 33 0.01
KL26-10 351 354 0.158 1580 0.44 41 42100 15700 130 540 78 8 17.2 46.0 45 0.11
KL26-10 354 357 0.0224 224 0.7 12.5 4200 8900 61 156 6 3 9.4 22.0 51 0.01
KL26-10 357 360 0.33 3300 1.18 33 8800 3300 140 640 10 20 70 42.0 51 0.36
KL26-10 360 363 0.41 4100 0.7 43 49700 19800 200 470 38 37 24 86.5 71 0.01
KL26-10 363 366 0.0312 312 0.17 8.4 7500 2790 48 60 4 3 4.9 9.0 27 0.01
KL26-10 366 369 0.073 730 0.24 26.4 21600 10700 110 157 15 6 20 86.0 29 0.17
KL26-10 369 372 0.074 740 0.13 12.7 9500 5200 160 490 7 5 22 71.8 18 0.23
KL26-10 372 375 0.0281 281 0.37 8.3 4090 4100 41 100 4 3 5.2 9.5 45 0.01
KL26-10 375 378 0.0315 315 1.02 10.6 5320 7300 83 78 5 2 6.5 22.3 48 0.01
KL26-10 378 381 0.02 200 0.15 12.3 10900 7500 17 60 28 5 5.8 58.8 20 0.01
KL26-10 381 384 0.0379 379 0.17 10.5 8400 14000 17 112 15 1 3.9 71.0 19 0.01
KL26-10 384 387 0.0215 215 0.13 9.9 9100 6700 19 59 26 2 5 47.0 22 0.01
KL26-10 387 390 0.0179 179 0.15 4 2740 2160 26 40 3 1 3.5 6.3 28 0.01
KL26-10 390 393 0.09 900 0.23 24.2 21300 9800 90 384 50 3 11 38.5 37 0.01
KL26-10 393 396 0.0056 56 0.02 0.9 590 326 17 13 1 1 1.3 0.0 20 0.01
KL26-10 396 399 0.0062 62 0.03 0.9 247 187 13 25 2 1 0.5 0.8 18 0.01
KL26-10 399 402 0.0085 85 0.04 2 1000 990 16 17 3 1 1.2 4.0 24 0.01
KL26-10 402 404.3 0.0188 188 0.07 4.4 2810 2020 30 61 6 1 2.1 6.5 23 0.01
KL26-10 404.3 406.4 0.012 120 0.02 2.2 1190 890 15 32 4 1 1.7 5.6 24 0.01
KL26-10 406.4 407.9 0.101 1010 0.64 51 91500 55300 560 5 0.01 1 66 27.5 43 0.14



Appendix V - 129 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-10 407.9 411 0.008 80 0.01 0.9 450 261 15 23 5 1 0.9 0.8 16 0.01
KL26-10 411 414 0.0203 203 0.06 14.4 16400 7900 100 68 22 1 6.8 16.0 24 0.01
KL26-10 414 417 0.0152 152 0.05 9.8 2600 2160 34 37 14 1 2.4 14.0 30 0.01
KL26-10 417 420 0.0076 76 0.04 5.9 900 1170 18 58 5 1 1.5 10.0 30 0.01
KL26-10 420 423 0.0296 296 0.3 64 17600 13000 110 362 141 1 6.7 64.0 34 0.01
KL26-10 423 426 0.0122 122 0.03 8.9 1120 2020 26 87 20 1 1.5 9.2 25 0.01
KL26-10 426 429 0.0072 72 0.06 6.6 2250 2590 35 64 9 1 2.2 12.5 25 0.01
KL26-10 429 432 0.0148 148 0.04 6.3 1870 3040 33 73 9 1 2.1 15.7 31 0.01
KL26-10 432 434.3 0.0089 89 0.03 4.8 1120 2100 26 75 10 1 1.8 9.0 29 0.01
KL26-10 434.3 437.3 0.015 150 0.07 8.5 8500 5800 100 46 9 1 5.5 14.8 28 0.01
KL26-10 437.3 438.8 0.0109 109 0.04 4.1 680 1430 40 37 7 1 1.5 8.3 35 0.01
KL26-10 438.8 441 0.041 410 0.16 41 10300 6600 120 120 114 1 3.7 25.0 37 0.01
KL26-10 441 444.1 0.0112 112 0.07 5.5 1330 1920 61 33 18 1 2.7 9.0 27 0.01
KL26-10 444.1 450 0.019 190 0.1 20.8 4510 2700 67 64 49 1 3.3 14.8 30 0.01
KL26-11 0 2.4 0.0087 87 0.01 0.6 650 380 5 4 0.01 1 4 1.5 22 0.01
KL26-11 2.4 3.7 0.0023 23 0.01 1.2 345 393 2 1 0.01 1 2.1 2.0 14 0.01
KL26-11 3.7 5.7 0.0019 19 0.01 0.1 329 339 1 1 0.01 1 0.8 1.8 13 0.01
KL26-11 5.7 8.7 0.0038 38 0.01 0.1 700 470 1 1 0.01 1 0.7 2.6 15 0.01
KL26-11 8.7 11.3 0.0052 52 0.01 0.1 303 211 1 1 0.01 1 0.6 1.4 14 0.01
KL26-11 11.3 13.9 0.0009 9 0.02 0.1 480 274 1 1 0.01 1 0.5 1.6 12 0.01
KL26-11 13.9 15.7 0.0038 38 0.01 0.9 399 500 6 1 0.01 1 1.1 2.1 13 0.01
KL26-11 15.7 17.7 0.67 6700 0.24 1.1 345 88 250 123 0.01 1 5.4 4.7 228 0.01
KL26-11 17.7 19.8 0.0007 7 0.01 0.1 269 267 2 1 0.01 1 0.6 1.3 15 0.01
KL26-11 19.8 21.4 0.0026 26 0.01 0.1 130 115 2 2 0.01 1 0.5 1.0 15 0.01
KL26-11 21.4 24.2 0.0016 16 0.01 0.1 138 113 1 1 0.01 1 0.4 0.7 10 0.01
KL26-11 24.2 26.4 0.0042 42 0.01 0.6 133 180 2 3 0.01 1 0.6 1.2 10 0.01
KL26-11 26.4 29.4 0.0029 29 0.01 0.1 215 234 2 1 0.01 1 0.5 0.9 13 0.01
KL26-11 29.4 32.1 0.0018 18 0.01 0.8 570 420 5 1 0.01 1 0.9 2.9 10 0.01
KL26-11 32.1 34.2 0.0028 28 0.01 0.1 202 184 2 1 0.01 1 0.6 2.8 12 0.01
KL26-11 34.2 36 0.0023 23 0.01 0.7 170 136 2 1 0.01 1 0.4 1.7 10 0.01
KL26-11 36 38.1 0.002 20 0.01 4.2 3150 4490 3 1 0.01 1 8.7 4.5 9 0.01
KL26-11 38.1 41 0.0022 22 0.01 0.8 290 790 2 1 0.01 1 2 2.8 9 0.01
KL26-11 41 44 0.0012 12 0.01 0.1 410 560 2 2 0.01 1 0.8 1.5 12 0.01
KL26-11 44 46.6 0.0068 68 0.01 1.3 960 1140 3 1 0.01 1 1.6 1.4 8 0.01
KL26-11 46.6 48.8 0.0049 49 0.01 7.1 530 4020 10 1 0.01 1 8.9 2.6 8 0.01
KL26-11 48.8 51.5 0.0055 55 0.01 0.9 450 600 4 3 0.01 1 2.6 1.8 23 0.01
KL26-11 51.5 53.6 0.0075 75 0.01 3.7 348 3660 11 3 0.01 1 6.8 2.9 15 0.01
KL26-11 53.6 55.2 0.0033 33 0.01 1.4 235 1030 8 3 0.01 1 2.1 1.7 12 0.01
KL26-11 55.2 58.1 0.0081 81 0.01 15.1 1550 16400 58 3 0.01 1 30 11.0 12 0.01
KL26-11 58.1 60.4 0.002 20 0.01 1 560 360 6 2 0.01 1 0.9 1.6 8 0.01
KL26-11 60.4 62.7 0.0063 63 0.01 1.5 550 960 9 4 0.01 1 1.2 2.9 11 0.01
KL26-11 62.7 65.4 0.0056 56 0.01 0.6 175 610 3 2 0.01 1 0.9 0.8 12 0.01
KL26-11 65.4 67.9 0.0116 116 0.02 1 640 920 2 3 0.01 1 1.3 1.7 12 0.01
KL26-11 67.9 70.2 0.0038 38 0.01 0.1 177 342 3 2 1 1 0.5 0.9 11 0.01
KL26-11 70.2 72.9 0.0021 21 0.02 0.1 365 256 4 2 1 1 0.5 1.5 12 0.01
KL26-11 72.9 75.8 0.0035 35 0.01 0.8 770 620 5 2 0.01 1 1.7 1.4 11 0.01
KL26-11 75.8 78.7 0.0021 21 0.01 0.9 460 315 9 3 1 1 0.7 2.1 10 0.01
KL26-11 78.7 81.2 0.0016 16 0.01 0.1 410 356 4 3 0.01 1 0.8 1.2 11 0.01
KL26-11 81.2 83.6 0.0194 194 0.07 1.2 870 1190 5 3 0.01 1 1.1 1.8 12 0.01
KL26-11 83.6 86.2 0.0039 39 0.01 2.5 2970 2350 16 2 0.01 1 4.8 1.7 12 0.01
KL26-11 86.2 89.2 0.0019 19 0.01 0.1 201 266 9 4 0.01 1 0.5 1.1 11 0.01
KL26-11 89.2 91.2 0.002 20 0.01 0.1 273 270 7 2 0.01 1 0.8 1.7 11 0.01
KL26-11 91.2 94.2 0.0021 21 0.01 0.6 306 228 8 3 0.01 1 0.9 1.6 11 0.01
KL26-11 94.2 97.2 0.0073 73 0.01 1.3 397 373 41 3 0.01 1 1.2 4.3 14 0.01
KL26-11 97.2 100.2 0.0184 184 0.01 2.2 1640 880 26 3 0.01 1 1.8 8.0 28 0.01
KL26-11 100.2 103.2 0.0051 51 0.01 1.8 790 1010 13 3 0.01 1 1.2 2.3 17 0.01
KL26-11 103.2 106.2 0.0133 133 0.01 0.5 238 295 14 86 1 1 1.2 1.5 23 0.01
KL26-11 106.2 109.2 0.004 40 0.01 0.6 113 171 17 9 0.01 1 0.6 1.3 27 0.01
KL26-11 109.2 112.2 0.0128 128 0.03 1.6 1220 1330 26 33 2 1 2.6 3.0 32 0.01
KL26-11 112.2 115.2 0.008 80 0.01 0.1 286 236 13 9 8 1 0.7 5.9 48 0.01
KL26-11 115.2 118.2 0.0204 204 0.01 1.2 410 800 20 5 2 1 1.3 5.8 21 0.01
KL26-11 118.2 121.2 0.0085 85 0.04 2.1 510 440 23 4 0.01 1 2.5 4.8 24 0.01
KL26-11 121.2 124.2 0.0036 36 0.01 2.1 138 398 23 4 0.01 1 1.5 7.6 27 0.01



Appendix V - 130 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-11 124.2 127.2 0.0047 47 0.01 2.7 1020 1000 18 8 4 1 1.6 13.8 30 0.01
KL26-11 127.2 130.2 0.0012 12 0.01 0.8 286 242 19 4 2 1 0.6 12.1 28 0.01
KL26-11 130.2 133.2 0.0048 48 0.01 0.1 140 265 21 2 0.01 1 1.2 4.9 31 0.01
KL26-11 133.2 136.2 0.0171 171 0.02 0.6 92 166 14 9 2 1 1.4 3.0 12 0.01
KL26-11 136.2 139.2 0.0157 157 0.01 1.2 153 360 11 4 0.01 1 1.6 4.4 16 0.01
KL26-11 139.2 142.2 0.0037 37 0.01 1 146 700 13 3 3 1 1.9 2.9 17 0.01
KL26-11 142.2 143.8 0.0005 5 0.01 0.1 127 185 8 2 0.01 1 0.6 1.9 10 0.01
KL26-11 143.8 146.7 0.0035 35 0.01 0.7 170 266 10 3 0.01 1 0.7 2.8 18 0.01
KL26-11 146.7 149.7 0.0007 7 0.01 0.1 55 135 9 2 0.01 1 0.5 2.0 15 0.01
KL26-11 149.7 151.2 0.023 230 0.1 1.3 219 204 29 3 6 1 0.7 3.4 24 0.01
KL26-11 151.2 154.2 0.0101 101 0.01 1.2 224 160 23 69 27 1 2.5 3.1 27 0.01
KL26-11 154.2 155.7 0.0148 148 0.01 0.1 68 80 6 18 0.01 2 0.9 2.0 34 0.01
KL26-11 155.7 157.2 0.0041 41 0.03 0.1 203 336 17 27 0.01 2 1 4.7 77 0.01
KL26-11 157.2 158.8 0.0129 129 0.03 0.1 105 161 9 26 1 3 1 3.6 152 0.01
KL26-11 158.8 161.4 0.0221 221 0.02 0.1 74 97 19 11 4 7 0.8 8.4 112 0.01
KL26-11 161.4 164 0.056 560 0.05 2.6 930 1100 60 14 20 11 4.8 41.8 32 0.01
KL26-11 164 165.1 0.083 830 0.04 3 500 840 160 118 1 3 18.3 8.0 83 0.01
KL26-11 165.1 167.8 0.245 2450 0.23 3 3890 530 430 210 4 12 5 11.0 68 0.01
KL26-11 167.8 169.2 0.9 9000 0.59 18 1750 1400 260 620 12 25 8 25.3 125 0.01
KL26-11 169.2 172.2 0.12 1200 0.41 27.8 15900 11500 350 55 2 5 101 15.0 87 0.38
KL26-11 172.2 175.2 0.078 780 0.09 6.4 1560 1410 45 103 4 3 6.6 6.9 92 0.01
KL26-11 175.2 178.2 0.0353 353 0.04 1.8 287 580 21 128 2 2 3.2 3.8 102 0.01
KL26-11 178.2 181.2 0.113 1130 0.2 28.5 11200 23900 300 60 20 2 44 14.5 63 0.12
KL26-11 181.2 184.2 0.419 4190 0.09 7.8 1710 1390 30 118 7 22 2.3 12.0 50 0.01
KL26-11 184.2 187.2 0.458 4580 0.12 7.3 1550 1320 48 335 13 12 2.6 7.3 40 0.01
KL26-11 187.2 190 0.059 590 0.45 14.3 1760 1770 84 385 144 6 2.4 11.8 30 0.01
KL26-11 190 193.2 0.0128 128 0.06 10 2500 3760 15 65 8 1 3.8 12.9 27 0.01
KL26-11 193.2 196.2 0.0183 183 0.08 12 3260 2660 25 45 2 1 4.1 11.5 25 0.01
KL26-11 196.2 199.2 0.0253 253 0.1 23 12800 7700 22 60 36 1 2.8 20.0 27 0.01
KL26-11 199.2 202.2 0.0166 166 0.05 10.8 3550 5500 10 26 3 1 3.6 18.0 25 0.01
KL26-11 202.2 205.2 0.013 130 0.02 7.8 3060 3490 12 18 1 4 3.4 11.0 28 0.01
KL26-11 205.2 208.2 0.0073 73 0.03 3.2 860 2600 21 10 1 1 3.2 10.3 25 0.01
KL26-11 208.2 211.2 0.0081 81 0.04 4.6 1490 4290 17 26 1 1 4.3 8.5 25 0.01
KL26-11 211.2 214.2 0.0157 157 0.03 4.4 3560 3490 64 18 0.01 1 4 11.3 30 0.01
KL26-11 214.2 217.2 0.0154 154 0.03 2.7 1390 2450 10 25 1 1 2.9 6.7 32 0.01
KL26-11 217.2 220.2 0.0192 192 0.12 16.2 6800 7900 12 49 2 1 5.3 21.3 35 0.01
KL26-11 220.2 223.2 0.0072 72 0.03 6.7 5100 5400 18 13 0.01 1 5.9 17.0 30 0.01
KL26-11 223.2 226.2 0.0193 193 0.52 15.3 4520 4980 46 50 40 2 5 55.0 38 0.01
KL26-11 226.2 229.2 0.0055 55 0.01 3.9 900 2270 12 27 7 1 2.9 7.8 20 0.01
KL26-11 229.2 232.2 0.0102 102 0.01 1.7 720 1430 8 13 2 1 1.5 6.3 18 0.01
KL26-11 232.2 233.8 0.0285 285 0.04 2.5 3850 3200 11 30 1 1 1.8 9.5 21 0.1
KL26-11 233.8 236.8 0.0116 116 0.05 1.4 1780 2990 10 66 1 1 1.7 21.8 19 0.01
KL26-11 236.8 239.8 0.07 700 0.16 3.5 4870 3390 21 37 11 1 2.5 21.5 20 0.01
KL26-11 239.8 242.5 0.0179 179 0.05 0.9 2550 1600 14 56 1 1 1.3 9.0 20 0.01
KL26-11 242.5 244.1 0.112 1120 0.77 2.3 6500 1660 29 54 23 1 2.5 27.9 27 0.01
KL26-11 244.1 245.7 0.045 450 0.2 3.6 4200 3500 17 110 16 2 1.7 17.1 22 0.01
KL26-11 245.7 248.7 0.178 1780 0.29 4.1 10600 3700 7 74 44 4 5.2 32.5 22 0.01
KL26-11 248.7 251.6 0.098 980 0.11 2.2 2070 1670 8 83 6 3 0.6 13.0 19 0.01
KL26-11 251.6 254.6 0.201 2010 0.31 2 1840 27 7 3 8 4 0.01 8.0 21 0.01
KL26-11 254.6 256.2 0.045 450 0.1 1 820 120 12 8 2 2 0.4 3.8 16 0.01
KL26-11 256.2 259.2 0.41 4100 0.45 1.8 5700 94 9 12 7 7 0.7 21.2 22 0.01
KL26-11 259.2 262.2 0.15 1500 0.12 1.8 680 93 10 3 5 4 0.01 7.9 24 0.01
KL26-11 262.2 265.2 0.075 750 0.13 1.7 3200 710 10 12 8 4 0.01 26.5 28 0.01
KL26-11 265.2 268.1 0.14 1400 0.99 17.3 1580 410 5 3 570 5 0.01 197.0 24 0.01
KL26-11 268.1 269.6 0.078 780 0.17 1.6 1480 81 12 7 3 3 0.4 5.5 36 0.01
KL26-11 269.6 271.7 0.39 3900 0.25 5.4 2980 125 13 12 35 9 0.9 11.0 27 0.01
KL26-11 271.7 274.2 0.23 2300 0.22 4.5 2700 36 30 4 5 5 0.5 6.5 21 0.01
KL26-11 274.2 277.2 0.31 3100 0.44 6.4 6900 59 12 3 40 5 1.8 9.8 33 0.01
KL26-11 277.2 280.2 0.89 8900 1.72 4 2220 283 17 43 70 8 0.7 24.0 30 0.01
KL26-11 280.2 283.2 0.57 5700 1.02 2 500 45 10 168 10 4 0.3 16.5 37 0.01
KL26-11 283.2 286.2 0.21 2100 0.27 1.9 1150 368 4 205 17 2 0.4 25.8 34 0.01
KL26-11 286.2 289.2 0.154 1540 0.35 1 660 77 11 460 9 1 0.3 5.8 39 0.01
KL26-11 289.2 292.2 0.192 1920 0.73 1 168 49 11 73 75 1 0.2 10.3 46 0.01



Appendix V - 131 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL26-11 292.2 295.2 0.95 9500 1.27 3.1 7900 91 24 110 46 15 0.2 87.0 20 0.01
KL26-11 295.2 296.8 0.81 8100 1.05 3.5 390 162 5 382 90 8 0.6 39.5 18 0.01
KL26-11 296.8 299.8 1.92 19200 1.08 5.2 16600 81 2 158 67 24 0.3 70.0 18 0.01
KL26-11 299.8 302.8 0.44 4400 1.82 1.8 1130 75 3 125 150 6 0.4 47.5 19 0.01
KL26-11 302.8 305.7 0.53 5300 0.31 1.7 2980 92 3 123 2 9 0.3 10.0 25 0.01
KL26-11 305.7 308.7 0.098 980 0.35 1.2 185 78 22 19 30 2 0.01 4.5 31 0.01
KL26-11 308.7 311.7 0.095 950 0.07 0.8 490 49 20 374 6 2 0.3 4.3 41 0.01
KL26-11 311.7 314.7 0.63 6300 0.4 1.5 1000 34 1 22 0.01 10 0.01 8.8 23 0.01
KL26-11 314.7 317.8 0.102 1020 0.21 0.9 450 45 3 67 5 5 0.4 4.0 14 0.01
KL26-11 317.8 320.8 0.23 2300 0.11 1 300 23 3 34 2 8 0.4 4.8 17 0.01
KL26-11 320.8 323.8 0.37 3700 0.15 1.2 286 97 17 9 1 7 0.01 8.0 29 0.01
KL26-11 323.8 326.8 0.8 8000 0.29 4.2 1440 137 10 4 5 11 0.3 9.5 24 0.01
KL26-11 326.8 329.8 0.86 8600 0.25 6.3 28400 186 6 3 11 100 1.1 23.5 27 0.01
KL26-11 329.8 332.6 0.73 7300 0.77 8.9 8100 1300 2 3 14 35 0.9 12.0 23 0.01
KL26-11 332.6 334.2 0.0336 336 0.29 16.8 10000 17200 11 7 3 1 4.5 20.5 24 0.01
KL26-11 334.2 337.2 0.2 2000 0.25 6.4 9800 2500 6 3 17 10 1 10.0 26 0.01
KL26-11 337.2 338.8 0.185 1850 0.23 2.4 5000 50 5 3 16 20 0.4 5.5 24 0.01
KL26-11 338.8 340.2 1.03 10300 0.88 6.1 7200 87 4 8 26 74 4 16.0 20 0.01
KL26-11 340.2 343.2 1.94 19400 1.65 2.4 380 10 1 11 1 42 0.01 15.5 22 0.01
KL26-11 343.2 346.2 0.24 2400 0.49 0.7 241 31 1 7 1 25 0.01 5.8 28 0.01
KL26-11 346.2 349.2 0.34 3400 0.35 1 130 15 0.01 6 1 15 0.01 7.5 19 0.01
KL26-11 349.2 352.2 1.04 10400 1.76 8.6 115 50 1 4 4 16 0.01 11.3 32 0.01
KL26-11 352.2 355.2 0.84 8400 1.48 3.7 136 69 2 16 7 15 0.01 12.5 41 0.01
KL26-11 355.2 358.2 0.81 8100 0.5 1.3 225 59 4 9 3 22 0.01 14.5 35 0.01
KL26-11 358.2 361.2 2.7 27000 0.83 3 158 22 0.01 5 4 54 0.01 36.0 56 0.01
KL26-11 361.2 364.2 2.49 24900 1.47 4.4 157 37 6 6 5 29 0.2 21.0 52 0.15
KL26-11 364.2 367.2 1.46 14600 1.95 2.6 161 56 10 110 7 26 0.5 10.0 32 0.01
KL26-11 367.2 370.2 1.52 15200 4.31 3 113 14 0.01 9 12 25 0.2 17.3 62 0.01
KL26-11 370.2 373.2 2 20000 1.53 2.5 146 8 1 8 2 18 0.01 10.5 75 0.01
KL26-11 373.2 375.8 0.94 9400 1.79 1.9 41 10 3 16 1 11 0.01 6.5 234 0.01
KL26-11 375.8 377.4 1.05 10500 3.49 2.3 59 18 42 26 4 8 0.3 10.0 224 0.01
KL26-11 377.4 380.6 0.53 5300 0.4 1.8 91 34 10 720 6 11 0.5 6.0 89 0.01
KL26-11 380.6 382.2 0.67 6700 0.43 3.1 143 29 2 3500 2 10 0.3 11.0 117 0.01
KL26-11 382.2 385.2 0.6 6000 0.4 1.7 127 33 6 1590 1 11 0.3 7.9 173 0.01
KL26-11 385.2 388.2 0.47 4700 0.36 1.3 138 54 3 32 1 12 0.2 6.5 97 0.01
KL26-11 388.2 389.8 0.76 7600 0.53 1.8 114 38 1 28 1 12 0.2 4.5 87 0.01
KL26-11 389.8 392.8 0.62 6200 0.56 1.8 139 14 1 130 1 12 0.01 6.0 92 0.01
KL26-11 392.8 395.8 0.6 6000 1.3 1.5 94 32 2 33 1 10 0.2 6.0 105 0.01
KL26-11 395.8 398.8 0.91 9100 0.57 1.6 79 12 1 38 0.01 12 0.01 5.2 68 0.01
KL26-11 398.8 401.8 0.83 8300 0.96 1.3 108 24 2 18 0.01 15 0.01 6.8 118 0.01
KL26-11 401.8 404.8 0.93 9300 0.59 2 140 37 1 356 1 15 0.01 6.0 94 0.01
KL26-11 404.8 407.8 0.81 8100 0.76 1.7 101 22 2 91 1 10 0.01 5.5 88 0.01
KL26-11 407.8 409.2 0.94 9400 0.89 1.8 128 20 1 103 3 13 0.01 8.0 80 0.01
KL26-11 409.2 412.2 1.24 12400 0.85 2 107 14 0.01 31 3 14 0.2 8.5 78 0.01
KL26-11 412.2 415.2 0.88 8800 0.53 1.7 90 6 0.01 18 0.01 21 0.01 4.0 64 0.01
KL26-11 415.2 418.2 0.7 7000 0.64 1.6 107 12 0.01 9 0.01 11 0.01 3.0 65 0.01
KL26-11 418.2 421.2 0.85 8500 0.61 1.4 140 20 0.01 18 0.01 11 0.01 4.3 95 0.01
KL26-11 421.2 424.2 0.47 4700 0.36 1.2 77 52 0.01 41 0.01 11 0.01 4.0 71 0.01
KL26-11 424.2 427.1 0.46 4600 0.4 0.9 130 7 0.01 31 0.01 10 0.01 3.8 85 0.01
KL26-11 427.1 430.2 0.6 6000 0.52 1.2 53 8 0.01 25 0.01 12 0.01 5.8 96 0.01
KL26-11 430.2 433.2 0.92 9200 0.87 1.8 86 18 1 74 1 10 0.01 5.5 111 0.01
KL26-11 433.2 436.2 0.58 5800 0.41 1.7 129 55 1 87 0.01 10 0.01 6.3 78 0.01
KL26-11 436.2 439.2 0.39 3900 0.2 1 103 42 21 57 4 14 1.7 15.0 88 0.01
KL26-11 439.2 442.2 0.74 7400 0.49 1.6 79 16 1 27 1 9 0.01 5.5 89 0.01
KL26-11 442.2 445.2 0.41 4100 0.35 1.4 104 13 1 57 1 7 0.01 4.3 70 0.01
KL26-11 445.2 448.2 0.5 5000 0.33 1.3 75 13 0.01 26 0.01 9 0.01 5.0 71 0.01
KL26-11 448.2 451.2 0.62 6200 0.47 1.7 114 21 0.01 50 1 11 0.01 6.3 80 0.01
KL28-01 0 2.6 0.0028 28 0.01 0.1 63 34 5 1 0.01 3 0.3 1.1 17 0.01
KL28-01 2.6 5.6 0.0117 117 0.01 2.4 1130 1220 9 1 0.01 2 4.7 3.1 18 0.01
KL28-01 5.6 8.6 0.0058 58 0.01 0.1 86 104 8 2 0.01 3 0.6 1.0 21 0.01
KL28-01 8.6 11.6 0.0028 28 0.04 0.1 37 27 6 1 0.01 2 0.2 1.2 23 0.01
KL28-01 11.6 14.6 0.0029 29 0.01 0.1 45 34 5 2 0.01 3 0.01 1.3 26 0.01
KL28-01 14.6 17.6 0.0032 32 0.01 0.1 50 31 4 1 0.01 1 0.2 1.4 19 0.01



Appendix V - 132 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-01 17.6 20.6 0.002 20 0.01 0.1 49 32 5 1 0.01 1 0.3 2.7 16 0.01
KL28-01 20.6 23.6 0.0018 18 0.01 0.1 73 67 7 1 0.01 1 0.01 1.6 26 0.01
KL28-01 23.6 26.6 0.0018 18 0.01 0.1 63 24 8 1 0.01 1 0.01 1.3 24 0.01
KL28-01 26.6 29.6 0.0034 34 0.01 0.1 64 40 4 1 0.01 1 0.2 1.4 28 0.01
KL28-01 29.6 32.6 0.0046 46 0.01 0.1 61 46 5 1 0.01 1 0.01 1.5 25 0.01
KL28-01 32.6 35.6 0.0021 21 0.02 0.1 73 48 7 1 0.01 1 0.3 2.5 24 0.01
KL28-01 35.6 38.6 0.0215 215 0.14 1.8 191 169 25 1 3 3 3.5 4.1 56 0.01
KL28-01 38.6 40.7 0.0399 399 0.04 0.7 57 94 13 20 2 2 1.6 3.1 138 0.01
KL28-01 40.7 43.1 0.042 420 0.01 3.3 100 600 26 8 18 7 2.3 8.8 124 0.01
KL28-01 43.1 48.6 0.0431 431 0.2 55.8 4500 8900 110 18 76 3 24 42.0 41 0.01
KL28-01 48.6 51.6 0.054 540 0.25 11.8 380 2980 60 17 12 3 10.4 7.4 41 0.01
KL28-01 51.6 54.6 0.0194 194 0.05 6.1 530 3740 14 15 4 1 3.9 2.3 41 0.01
KL28-01 54.6 56.6 0.0203 203 0.07 3.3 307 1490 21 10 3 1 5.4 1.7 43 0.01
KL28-01 56.6 58.6 0.017 170 0.11 2.8 342 1740 10 14 2 1 2.5 0.0 36 0.01
KL28-01 58.6 61.3 0.0107 107 0.04 1.4 124 710 15 14 0.01 2 4.5 0.0 22 0.01
KL28-01 61.3 64.4 0.0147 147 0.03 0.1 103 187 12 12 0.01 1 2.4 0.0 30 0.01
KL28-01 64.4 67.4 0.0041 41 0.02 0.9 87 217 6 5 0.01 1 1.6 0.7 9 0.01
KL28-01 67.4 70.1 0.0059 59 0.01 0.1 183 98 6 5 0.01 1 1 0.0 8 0.01
KL28-01 70.1 73.1 0.0051 51 0.01 0.1 150 251 8 2 0.01 1 1.2 0.0 6 0.01
KL28-01 73.1 75.6 0.015 150 0.01 2 327 720 13 5 0.01 1 3 0.0 9 0.01
KL28-01 75.6 78.6 0.0042 42 0.01 1 90 620 23 4 0.01 1 3.1 0.0 7 0.01
KL28-01 78.6 81.6 0.0047 47 0.01 2.1 87 201 24 1 0.01 1 5.1 0.6 12 0.01
KL28-01 81.6 84.6 0.081 810 0.16 184 12400 19700 54 10 3 2 245 22.0 58 0.01
KL28-01 84.6 86.3 0.0173 173 0.04 44.3 2370 1750 33 2 2 1 15.5 18.0 27 0.01
KL28-01 86.3 89.3 0.069 690 0.07 124 14000 11800 160 1 3 2 52 42.0 24 0.01
KL28-01 89.3 92.3 0.0063 63 0.04 10.1 740 710 13 5 0.01 2 3.7 4.0 15 0.01
KL28-01 92.3 94.9 0.0073 73 0.05 14.5 520 1670 15 6 0.01 2 6.8 4.7 21 0.01
KL28-01 94.9 97.1 0.0019 19 0.01 2.4 210 417 2 3 0.01 1 2.2 1.9 22 0.01
KL28-01 97.1 100.1 0.0047 47 0.02 5.3 710 1180 10 3 0.01 2 4.2 4.5 21 0.01
KL28-01 100.1 103.1 0.0061 61 0.01 4.5 234 1460 10 2 1 2 3.5 3.7 21 0.01
KL28-01 103.1 106.1 0.0043 43 0.07 3.4 240 840 9 1 1 2 2.9 3.9 22 0.01
KL28-01 106.1 109.1 0.0024 24 0.01 1.6 89 324 2 1 1 1 1.1 1.4 24 0.01
KL28-01 109.1 112.1 0.0096 96 0.01 2.2 210 309 12 1 1 2 1.5 1.3 26 0.01
KL28-01 112.1 114.4 0.0036 36 0.01 0.8 67 187 5 1 1 2 1.8 1.0 22 0.01
KL28-01 114.4 116.8 0.004 40 0.01 2 329 540 8 1 1 2 1 1.2 23 0.01
KL28-01 116.8 119.6 0.002 20 0.01 0.9 80 101 3 1 0.01 3 0.9 0.7 23 0.01
KL28-01 119.6 123.1 0.003 30 0.01 1.5 130 490 4 1 0.01 3 0.6 0.9 23 0.01
KL28-01 123.1 125.4 0.0008 8 0.02 0.8 44 160 6 1 0.01 2 1.5 1.1 25 0.01
KL28-01 125.4 127.9 0.0028 28 0.01 0.9 110 300 5 1 0.01 2 1.8 0.9 26 0.01
KL28-01 127.9 130.9 0.0034 34 0.01 0.7 45 120 4 1 1 2 2 0.7 29 0.01
KL28-01 130.9 133.1 0.004 40 0.01 2.2 412 1010 6 1 1 1 2.6 0.9 21 0.01
KL28-01 133.1 136.1 0.002 20 0.01 2.4 251 490 5 9 0.01 1 1.1 1.0 14 0.01
KL28-01 136.1 139.1 0.002 20 0.01 2.4 470 910 6 6 0.01 1 1.9 1.6 10 0.01
KL28-01 139.1 141.5 0.0022 22 0.01 2.3 406 950 5 4 0.01 2 1.9 1.7 8 0.01
KL28-01 141.5 144.4 0.0033 33 0.01 1.9 930 860 7 6 0.01 1 2.9 1.6 13 0.01
KL28-01 144.4 146.6 0.0016 16 0.01 0.9 332 376 3 5 0.01 1 0.8 0.9 13 0.01
KL28-01 146.6 149.7 0.0029 29 0.02 4.3 1280 3410 4 8 0.01 1 4.5 3.0 13 0.01
KL28-01 149.7 152.6 0.003 30 0.01 2.1 840 810 3 7 0.01 1 1.2 1.7 10 0.01
KL28-01 152.6 155.2 0.0031 31 0.01 3.8 1000 1310 4 8 4 1 1.3 3.4 8 0.01
KL28-01 155.2 158.2 0.0045 45 0.06 11.5 1530 2630 19 12 5 2 3.3 7.9 14 0.01
KL28-01 158.2 161.2 0.0023 23 0.02 4.3 1460 100 7 3 0.01 1 2.1 4.0 12 0.01
KL28-01 161.2 164.1 0.0034 34 0.01 2.1 490 1040 3 4 0.01 1 2.1 4.5 19 0.01
KL28-01 164.1 166.1 0.002 20 0.01 0.9 301 430 2 4 0.01 1 1.4 3.4 15 0.01
KL28-01 166.1 167.7 0.0018 18 0.01 1.7 214 286 3 3 0.01 1 0.8 2.7 15 0.01
KL28-01 167.7 170.6 0.0017 17 0.02 1 160 199 3 4 0.01 1 0.6 2.1 15 0.01
KL28-01 170.6 173.5 0.0019 19 0.01 0.8 146 217 4 3 0.01 1 0.7 1.2 12 0.01
KL28-01 173.5 176.6 0.0024 24 0.01 0.8 151 201 6 4 0.01 1 0.9 2.0 16 0.01
KL28-01 176.6 179.6 0.0057 57 0.01 1.6 580 610 5 16 0.01 3 1.7 2.5 13 0.01
KL28-01 179.6 182.6 0.0085 85 0.05 10.2 8400 5400 19 15 0.01 3 8 8.0 12 0.01
KL28-01 182.6 185.6 0.0072 72 0.07 7.5 7100 3700 11 9 1 4 6.5 9.0 10 0.01
KL28-01 185.6 188.6 0.0146 146 0.11 5.7 2770 1910 49 43 2 4 7.5 6.8 16 0.01
KL28-01 188.6 191.6 0.0071 71 0.11 4.3 990 1910 40 23 2 5 5.5 4.3 28 0.01
KL28-01 191.6 194.4 0.0259 259 0.21 36 48000 23800 38 16 8 5 32 40.3 13 0.43



Appendix V - 133 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-01 194.4 197.6 0.0142 142 0.29 14 11300 6700 46 25 4 3 10.2 8.7 13 0.01
KL28-01 197.6 200.1 0.0057 57 0.12 3.7 1520 1650 25 14 3 4 2.6 3.3 11 0.01
KL28-01 200.1 203.6 0.0044 44 0.15 1.5 1060 480 21 8 2 3 1.2 2.3 11 0.01
KL28-01 203.6 206.4 0.055 550 0.17 4.1 1130 600 17 10 6 4 0.9 5.5 10 0.01
KL28-01 206.4 209.4 0.058 580 0.38 7.8 3960 3800 72 36 31 6 4.4 15.0 16 0.36
KL28-01 209.4 212.1 0.18 1800 0.82 7.6 1200 740 730 11 4 10 8.1 9.0 17 0.67
KL28-01 212.1 215.2 0.47 4700 1.26 13.7 12200 780 340 60 64 12 2.3 16.5 41 2.65
KL28-01 215.2 218.4 0.49 4900 4 32.7 23300 1740 970 510 210 18 22 24.5 170 2.88
KL28-01 218.4 221.4 0.161 1610 1.32 8.4 1030 315 250 1415 20 14 6.2 6.0 127 0.15
KL28-01 221.4 223.1 0.198 1980 1.16 7.9 940 600 260 1080 5 11 4.5 6.3 154 0.47
KL28-01 223.1 226.1 0.84 8400 1.89 60 14000 3400 65 250 344 25 7.6 15.3 40 0.13
KL28-01 226.1 229.1 0.69 6900 1.01 36 3650 2690 27 15 66 12 1 14.0 23 0.01
KL28-01 229.1 232.1 0.52 5200 0.75 45 10100 22900 28 460 57 13 1.7 80.5 20 0.01
KL28-01 232.1 235.1 0.66 6600 1.35 15.6 870 1660 18 700 12 12 1.3 8.5 28 0.01
KL28-01 235.1 238.1 1.1 11000 2.04 18.6 820 1430 24 270 3 22 1 12.3 23 0.01
KL28-01 238.1 241 0.65 6500 0.67 14.4 6000 1110 48 78 34 31 2.2 26.7 21 0.01
KL28-01 241 244.1 1.04 10400 1.19 10.3 289 91 25 56 21 26 1.8 12.8 41 0.01
KL28-01 244.1 247.1 1.05 10500 0.9 8.2 277 38 25 94 35 50 2.2 16.5 43 0.01
KL28-01 247.1 250.1 0.99 9900 0.94 7.8 267 36 28 470 44 25 2 13.5 73 0.01
KL28-01 250.1 252.4 0.57 5700 0.82 4.3 302 55 55 770 28 8 4 17.3 74 0.1
KL28-01 252.4 254.6 0.59 5900 0.88 4.2 336 39 57 271 20 6 1.9 11.3 36 0.01
KL28-01 254.6 257.6 3.27 32700 1.98 7.6 730 650 15 460 1 154 1.4 16.0 99 0.01
KL28-01 257.6 260.6 1.28 12800 3.2 15.9 660 107 2300 83 65 34 83 11.5 137 0.01
KL28-01 260.6 263.6 2.05 20500 2.85 22.1 1020 67 2000 8 67 20 76 15.0 175 0.31
KL28-01 263.6 266.6 1.64 16400 1.63 5.9 383 26 31 162 1 87 2.8 11.5 36 0.01
KL28-01 266.6 269.6 3.43 34300 3.24 12.6 264 40 13 58 0.01 118 1.8 18.0 24 0.01
KL28-01 269.6 272.6 1.75 17500 1.21 4.7 131 16 4 62 0.01 133 0.7 13.0 36 0.01
KL28-01 272.6 275.6 1.8 18000 1.3 4.4 112 10 2 410 0.01 99 0.2 12.0 74 0.01
KL28-01 275.6 278.6 3.95 39500 4.1 7.3 450 34 21 2270 0.01 127 0.6 31.0 47 0.01
KL28-01 278.6 281.6 2.1 21000 1.23 3.5 117 8 2 4550 0.01 68 0.01 21.0 38 0.01
KL28-01 281.6 284.6 3.54 35400 2.01 4.8 154 8 0.01 74 0.01 73 0.01 27.0 36 0.01
KL28-01 284.6 287.6 2.42 24200 4.23 4 104 12 10 181 0.01 54 0.3 14.4 60 0.01
KL28-01 287.6 290.6 1.46 14600 1.33 2.1 109 12 1 95 0.01 60 0.01 11.4 34 0.01
KL28-01 290.6 293.6 4.83 48300 3.67 5.5 192 10 3 970 0.01 90 0.01 23.2 63 0.01
KL28-01 293.6 296.6 5.38 53800 4.12 7.5 710 430 730 930 0.01 83 13.5 28.2 101 0.11
KL28-01 296.6 299.6 2.69 26900 1.62 2.5 282 73 23 1110 0.01 45 0.9 25.0 140 0.01
KL28-01 299.6 301.5 3.74 37400 1.86 2.9 225 31 9 1080 0.01 58 0.9 22.0 80 0.01
KL28-01 301.5 304.5 1.75 17500 1.41 2.1 690 60 34 1690 0.01 51 1.1 28.3 125 0.01
KL28-01 304.5 307.1 1.24 12400 0.67 2.5 910 320 1410 900 0.01 28 45 10.3 72 0.24
KL28-01 307.1 310.1 3.65 36500 2.19 3.2 450 85 55 4450 0.01 40 2.1 21.5 112 0.01
KL28-01 310.1 313.1 2.01 20100 1.22 2.1 410 93 22 12400 0.01 32 1.4 18.0 95 0.01
KL28-01 313.1 316.1 2.16 21600 0.89 2.2 315 76 12 1270 0.01 32 0.8 21.0 56 0.01
KL28-01 316.1 319.1 1.82 18200 0.7 2 500 161 13 1040 0.01 26 0.4 15.2 74 0.01
KL28-01 319.1 322.1 2.25 22500 0.69 1.9 377 165 24 1280 0.01 29 0.5 13.2 40 0.01
KL28-01 322.1 325.1 2.62 26200 0.65 2.1 215 179 13 1420 0.01 29 0.5 13.3 43 0.01
KL28-01 325.1 328.1 1.85 18500 1.06 2.1 460 460 87 1100 0.01 28 0.4 8.0 38 0.01
KL28-01 328.1 331.1 1.05 10500 1.15 1.5 540 560 110 730 0.01 22 1.6 8.5 44 0.22
KL28-01 331.1 334.1 1 10000 0.6 1.4 271 193 11 780 0.01 16 0.3 9.0 43 0.01
KL28-01 334.1 337.1 2.14 21400 0.7 1.9 286 202 9 1200 0.01 26 0.4 9.5 53 0.01
KL28-01 337.1 340.1 2.54 25400 0.8 2.1 750 540 110 1030 0.01 23 0.5 11.0 60 0.58
KL28-01 340.1 343.1 2.57 25700 0.78 2.7 1890 500 24 1250 0.01 28 0.3 16.0 132 0.48
KL28-01 343.1 346.1 2.66 26600 1.04 2.6 720 156 240 1880 0.01 28 0.3 14.5 113 0.52
KL28-01 346.1 347.6 2.91 29100 1.18 2.7 290 151 30 1120 0.01 39 0.5 16.0 53 0.2
KL28-01 347.6 350.1 1.79 17900 0.6 2.2 1510 580 200 1560 0.01 24 1.4 11.5 53 1.24
KL28-01 350.1 353.1 1.66 16600 0.41 2 1140 650 230 1360 0.01 27 0.9 11.5 52 1.13
KL28-01 353.1 356.1 1.6 16000 0.4 1.9 840 660 87 1770 0.01 27 0.2 13.0 64 1.13
KL28-01 356.1 359.1 3.06 30600 1.2 3 157 42 240 900 0.01 46 0.4 18.5 174 0.66
KL28-01 359.1 361.1 2.85 28500 1 2.6 83 16 20 640 0.01 77 0.01 15.0 168 0.01
KL28-01 361.1 364.1 2.93 29300 1.76 3.4 132 16 23 290 0.01 90 0.01 13.0 62 0.01
KL28-01 364.1 367.1 2.76 27600 2.71 7.2 182 16 7 310 2 48 0.01 21.5 50 0.01
KL28-01 367.1 370.1 1.93 19300 2.48 7.1 3000 420 30 90 2 33 1.3 12.8 52 0.8
KL28-01 370.1 373.1 2.51 25100 1.87 6.8 500 53 14 110 2 129 0.4 34.0 36 0.01
KL28-01 373.1 376.1 2.58 25800 1.59 7.1 161 20 13 76 7 121 0.7 43.1 37 0.01



Appendix V - 134 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-01 376.1 379.1 2.03 20300 1.7 6.1 1100 125 62 28 10 93 1 37.7 28 0.31
KL28-01 379.1 382.1 2.44 24400 2.01 11.7 315 59 51 6 34 62 1.6 21.0 46 0.2
KL28-01 382.1 385.1 1.66 16600 0.77 7.3 369 94 390 13 9 42 2.5 19.0 42 0.45
KL28-01 385.1 388.1 1.49 14900 0.71 6 1020 110 690 14 2 54 1.8 30.7 33 1.15
KL28-01 388.1 389.6 1.38 13800 0.85 5.8 1040 163 560 10 6 36 1.9 22.4 26 1.05
KL28-01 389.6 392.6 4.29 42900 3.56 15.4 660 58 45 2 42 29 1.1 29.0 41 0.25
KL28-01 392.6 394.1 1.89 18900 1.51 11.8 1850 63 65 11 12 29 0.9 26.8 64 0.01
KL28-01 394.1 397.1 1.7 17000 1.1 12.2 3400 185 71 6 34 23 0.8 18.1 84 0.28
KL28-01 397.1 400.1 2.69 26900 1.86 15 4300 590 390 24 33 79 0.6 28.0 45 2.23
KL28-01 400.1 402.1 2.54 25400 2.41 15.4 3400 490 470 89 24 204 0.7 39.0 34 1.3
KL28-01 402.1 405 2.41 24100 3.01 16.4 930 70 37 6 12 81 1.6 18.0 28 0.01
KL28-01 405 406.6 2.51 25100 3.71 15.6 1600 183 28 4 6 47 2.5 16.5 26 0.01
KL28-01 406.6 409.1 1.58 15800 3.34 10.9 1180 210 61 8 12 72 1.2 14.7 42 0.01
KL28-01 409.1 412 2.33 23300 3.75 17.6 5600 321 52 37 12 188 1.2 32.0 50 0.01
KL28-01 412 415.1 2.45 24500 3.52 16.5 1020 128 39 18 5 58 4.5 13.5 32 0.01
KL28-01 415.1 418.1 2.63 26300 3.61 17.2 2600 107 60 18 7 70 5.7 26.7 43 0.01
KL28-01 418.1 421.1 1.75 17500 2.92 11.5 1600 58 76 28 12 53 2.2 24.8 34 0.01
KL28-01 421.1 424.1 1.72 17200 3.53 12.7 2700 381 130 129 21 51 8 16.4 49 0.01
KL28-01 424.1 427.1 1.86 18600 3.41 20 1770 97 65 171 20 53 2 22.2 41 0.01
KL28-01 427.1 430.1 1.82 18200 3.01 19.2 20400 344 66 57 37 134 6.3 26.2 50 0.01
KL28-01 430.1 433.1 2.02 20200 2.7 30 7400 110 120 40 29 84 1.8 15.7 68 0.01
KL28-01 433.1 434.6 0.43 4300 0.44 10.4 15900 136 65 146 50 30 0.4 21.4 88 0.01
KL28-01 434.6 441.1 0.518 5180 0.56 4.8 1010 107 360 3700 20 6 1.1 15.9 122 0.29
KL28-01 441.1 445.1 0.05 500 0.11 0.1 170 68 18 430 7 4 0.7 2.8 83 0.01
KL28-01 445.1 448.5 0.042 420 0.09 0.1 108 50 24 153 10 4 0.5 4.0 56 0.01
KL28-01 448.5 451.4 0.042 420 0.07 0.1 113 46 21 183 22 4 0.4 4.3 78 0.01
KL28-01 451.4 454.1 0.041 410 0.12 0.6 154 47 26 123 28 2 0.4 3.3 34 0.01
KL28-01 454.1 456.8 0.24 2400 0.4 4.3 214 58 200 102 58 13 0.6 9.8 60 0.01
KL28-01 456.8 460.1 0.26 2600 0.42 2.8 2060 680 73 60 80 10 1 11.8 31 0.15
KL28-01 460.1 463.1 0.066 660 0.13 1.3 174 110 32 25 14 4 0.5 3.3 28 0.12
KL28-01 463.1 466.1 0.0131 131 0.09 0.1 177 75 5 7 2 1 0.4 2.0 26 0.01
KL28-01 466.1 468.6 0.094 940 0.13 1 279 83 23 5 2 2 0.5 3.0 30 0.01
KL28-01 468.6 469.9 0.5 5000 1.22 34.6 51100 58700 280 170 34 3 34 11.8 81 0.13
KL28-01 469.9 472.2 0.106 1060 0.52 4 5100 1940 35 145 55 8 1.7 10.5 33 0.01
KL28-01 472.2 474.6 0.0365 365 0.22 6.5 4580 3200 20 21 60 3 5.2 14.0 30 0.01
KL28-01 474.6 477.2 0.0142 142 0.1 2.4 4780 625 11 5 8 2 0.7 3.3 24 0.01
KL28-01 477.2 478.6 0.0154 154 0.15 0.9 1240 340 27 6 2 1 0.01 1.8 23 0.01
KL28-01 478.6 481 0.048 480 0.18 0.9 1850 610 110 10 8 1 0.7 4.8 22 0.21
KL28-01 481 484.1 0.065 650 0.09 0.8 830 193 52 7 5 1 0.2 2.1 25 0.01
KL28-01 484.1 488.1 0.071 710 0.19 1.9 1930 780 120 23 12 3 1.6 4.0 24 0.21
KL28-01 488.1 491.5 1.36 13600 0.7 9.9 2700 1120 67 34 16 14 2.5 9.0 48 0.01
KL28-01 491.5 493.1 0.117 1170 0.22 1.5 710 140 30 3 4 3 0.01 3.5 24 0.01
KL28-01 493.1 496.1 0.5 5000 0.51 9.4 8600 560 150 35 76 8 0.7 16.8 30 0.01
KL28-01 496.1 498.1 1.36 13600 0.74 26.9 5600 1500 270 35 138 7 0.8 7.9 42 0.01
KL28-01 498.1 500.7 2.32 23200 2.16 20.9 5800 700 78 28 34 54 1.5 35.0 51 0.01
KL28-01 500.7 502.8 0.98 9800 1.23 14.3 800 110 300 28 10 14 1.9 15.5 46 0.12
KL28-01 502.8 505.1 0.61 6100 0.65 5.7 3710 102 260 12 6 8 2.6 9.3 24 0.01
KL28-01 505.1 508.1 0.35 3500 0.25 2.4 600 104 310 3 2 15 3.5 6.3 29 0.01
KL28-01 508.1 511.1 0.478 4780 0.31 4.1 1120 760 210 12 2 23 1.7 8.3 30 0.11
KL28-01 511.1 514.1 0.72 7200 0.21 3.1 1600 540 460 48 3 15 4.5 6.3 50 0.18
KL28-01 514.1 517.1 1 10000 1.08 13.5 42100 4000 1260 9 9 46 19 5.8 52 2.19
KL28-01 517.1 520.1 0.95 9500 0.69 9.3 12700 1320 390 9 10 18 5 8.0 40 0.38
KL28-01 520.1 523.1 1.08 10800 0.64 20.1 1650 2300 570 40 44 26 3.2 14.0 95 0.01
KL28-01 523.1 526.1 0.476 4760 0.37 5 3590 450 370 9 10 19 2.6 7.8 30 0.19
KL28-01 526.1 529.1 0.86 8600 0.35 8.5 2400 610 290 13 12 14 1.4 8.0 38 0.01
KL28-01 529.1 532.1 1.03 10300 1.43 2.5 132 24 2 4 1 7 0.01 4.3 9 0.01
KL28-01 532.1 535.1 0.58 5800 0.5 6.2 10400 3000 560 4 14 8 1.7 11.8 28 0.31
KL28-01 535.1 537.6 0.98 9800 0.29 7 1060 219 79 5 4 28 2.5 9.5 33 0.01
KL28-01 537.6 539.6 0.25 2500 0.27 3.5 460 164 41 12 5 29 1.4 5.2 21 0.01
KL28-01 539.6 541.3 0.107 1070 0.15 2 970 165 34 3 7 5 0.01 5.3 18 0.01
KL28-01 541.3 544.1 1.25 12500 0.91 9.5 1280 118 36 64 18 70 1.5 17.0 67 0.01
KL28-01 544.1 547.1 0.73 7300 0.75 10.3 3300 117 52 12 30 26 0.7 25.8 29 0.01
KL28-01 547.1 549.4 1.05 10500 1.2 12.7 750 74 33 21 24 22 0.3 36.5 61 0.01



Appendix V - 135 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-01 549.4 552.4 1.6 16000 1.42 12 780 197 170 18 14 95 2.8 21.6 84 0.01
KL28-01 552.4 555.5 2.05 20500 1.04 16.5 317 86 65 67 13 132 0.8 25.5 65 0.01
KL28-01 555.5 557.6 2.26 22600 1.68 19.3 369 40 51 1100 7 59 0.7 16.5 40 0.01
KL28-01 557.6 560.1 1.4 14000 1.3 9 407 115 81 23 18 57 3.8 14.5 78 0.01
KL28-01 560.1 561.9 0.65 6500 0.28 4.6 325 32 8 106 4 3 0.2 11.1 30 0.01
KL28-01 561.9 564.8 1.34 13400 1.28 12.3 1410 750 68 7 17 34 3.8 20.0 23 0.01
KL28-01 564.8 567.9 1.15 11500 0.96 12.6 7300 1700 46 15 22 22 2.5 21.8 38 0.01
KL28-01 567.9 571 1.35 13500 0.88 10.7 4300 41 27 20 38 25 0.4 20.8 36 0.01
KL28-01 571 574.1 1.26 12600 0.83 11.1 5800 186 28 11 108 13 0.3 40.3 42 0.01
KL28-01 574.1 577.1 1.34 13400 0.84 5 363 8 6 16 5 23 0.2 16.3 24 0.01
KL28-01 577.1 580.1 0.99 9900 0.5 2.6 157 13 6 4 4 21 0.01 11.0 20 0.01
KL28-01 580.1 583.1 1.18 11800 0.57 4.2 250 19 7 31 3 31 0.01 19.8 24 0.01
KL28-01 583.1 586.1 0.65 6500 0.37 2.8 255 57 17 9 4 26 0.2 19.2 38 0.01
KL28-01 586.1 589.1 1.42 14200 0.53 4.5 112 21 8 116 3 36 0.01 25.8 24 0.01
KL28-01 589.1 590.9 0.78 7800 0.36 2.7 107 9 6 84 2 18 0.01 17.0 27 0.01
KL28-01 590.9 593.9 1.47 14700 0.5 8.7 400 32 10 45 8 18 0.2 32.0 60 0.01
KL28-01 593.9 596.9 1.55 15500 0.7 10.1 680 23 12 54 7 47 0.3 25.8 56 0.01
KL28-01 596.9 601.1 2.25 22500 0.53 11.6 670 41 25 88 12 66 0.6 34.5 102 0.01
KL28-01 601.1 604.7 2.33 23300 0.36 11.7 403 76 31 196 58 60 2.2 38.0 192 0.01
KL28-01 604.7 607.1 1.7 17000 0.33 10.5 206 101 35 90 202 42 1.8 30.8 209 0.01
KL28-01 607.1 610.1 1.83 18300 0.48 13.6 2500 315 27 35 46 50 0.4 39.5 118 0.01
KL28-01 610.1 613.1 2.25 22500 0.8 9 680 30 13 47 5 44 0.3 21.9 67 0.01
KL28-01 613.1 615.1 2.05 20500 0.95 6.5 345 20 10 50 2 28 0.01 14.9 54 0.01
KL28-01 615.1 618.1 1.78 17800 0.42 4.8 154 8 6 99 3 26 0.01 22.2 80 0.01
KL28-01 618.1 621.1 1.04 10400 0.56 3.3 100 8 8 67 3 20 0.2 13.8 88 0.01
KL28-01 621.1 624 1.01 10100 0.59 2.6 50 9 10 46 2 36 0.01 27.0 83 0.01
KL28-01 624 627.3 0.519 5190 0.3 1.4 54 9 18 41 3 19 0.6 26.3 93 0.01
KL28-01 627.3 631.1 0.98 9800 0.76 3.7 59 7 17 20 6 19 0.8 21.5 100 0.01
KL28-01 631.1 634.1 0.79 7900 0.7 2.9 55 9 19 26 4 27 1.2 25.3 74 0.01
KL28-01 634.1 637.1 1.77 17700 1.06 4.1 64 8 18 14 3 17 1.2 17.3 51 0.01
KL28-01 637.1 640.1 1.23 12300 0.58 2.5 54 6 26 3 2 11 0.4 12.5 44 0.01
KL28-01 640.1 641.6 1.9 19000 1.11 5.3 89 7 14 10 2 44 0.01 19.2 51 0.01
KL28-01 641.6 644.1 0.94 9400 0.54 3.5 73 9 20 8 11 20 1.6 29.9 76 0.01
KL28-01 644.1 647.1 1.54 15400 1.05 8.8 120 7 15 23 7 29 0.01 26.2 73 0.01
KL28-01 647.1 649.1 1.3 13000 0.93 5.5 105 1 24 9 9 52 1.6 39.4 142 0.01
KL28-01 649.1 652.1 0.58 5800 0.66 2 75 6 56 7 9 24 4.1 19.0 94 0.01
KL28-01 652.1 655.1 0.96 9600 0.65 2.6 39 9 15 27 5 56 0.01 46.0 103 0.01
KL28-01 655.1 658.1 0.88 8800 0.35 1.8 46 13 17 83 2 53 0.2 19.5 60 0.12
KL28-01 658.1 661.1 0.86 8600 0.3 1.7 44 12 7 35 2 26 0.01 17.5 65 0.11
KL28-01 661.1 664.1 0.86 8600 0.64 2.6 43 8 18 13 2 17 0.6 15.5 60 0.01
KL28-01 664.1 667.1 1.07 10700 0.7 2.8 50 6 20 21 2 20 0.4 14.0 73 0.01
KL28-01 667.1 670.1 0.84 8400 0.67 2.4 48 7 27 34 2 41 0.7 15.8 65 0.13
KL28-01 670.1 673.1 1 10000 0.48 1.6 56 7 16 73 2 21 0.3 14.0 84 0.11
KL28-01 673.1 676.1 2.29 22900 0.84 4.8 47 8 6 90 0.01 45 0.01 26.8 82 0.01
KL28-01 676.1 679.1 1.07 10700 0.56 3 54 7 14 24 2 38 0.01 53.5 82 0.01
KL28-01 679.1 682.1 0.95 9500 0.75 2.9 56 8 22 13 2 20 1 23.2 73 0.01
KL28-01 682.1 685.1 0.65 6500 0.7 3.6 78 11 36 154 82 14 1.8 12.9 101 0.01
KL28-01 685.1 688.1 0.77 7700 0.8 3.6 86 12 22 14 46 14 8.9 16.0 78 0.01
KL28-01 688.1 691.1 0.57 5700 0.62 2.3 160 10 37 32 3 15 22 9.5 48 0.01
KL28-01 691.1 694.1 0.75 7500 0.45 3.2 273 27 41 41 50 18 6.5 22.3 93 0.01
KL28-01 694.1 697.1 0.53 5300 0.39 4.6 550 27 47 10 20 12 0.6 19.0 53 0.01
KL28-01 697.1 700.1 1.03 10300 0.51 4.7 391 48 54 11 5 17 0.5 18.5 43 0.01
KL28-01 700.1 703.1 0.55 5500 0.57 6.8 2620 43 51 4 32 8 0.6 13.0 40 0.01
KL28-01 703.1 706.1 0.54 5400 0.37 3.7 660 57 26 29 7 11 0.7 19.0 35 0.11
KL28-01 706.1 709.1 0.42 4200 0.4 1.9 154 14 29 11 2 26 9.1 22.0 60 0.01
KL28-01 709.1 712.1 0.95 9500 0.65 4.9 560 14 25 29 4 19 0.4 19.0 25 0.01
KL28-01 712.1 715.1 1.09 10900 1.11 4.3 392 13 18 7 3 40 7.1 19.3 58 0.01
KL28-01 715.1 718.1 0.91 9100 0.88 6.9 308 10 31 181 5 24 0.4 18.3 35 0.01
KL28-01 718.1 721.1 0.461 4610 0.46 3.1 240 14 62 6 10 35 12.4 47.0 45 0.01
KL28-01 721.1 724.1 1.06 10600 0.96 8.3 254 16 42 6 8 17 1.2 20.8 33 0.01
KL28-01 724.1 727.1 0.7 7000 1.09 4.2 214 20 37 31 5 15 1.5 19.5 43 0.1
KL28-01 727.1 730.1 0.68 6800 0.46 2.4 87 10 11 6 5 18 0.9 38.2 54 0.01
KL28-01 730.1 733.1 1 10000 0.76 3.1 214 16 20 25 4 19 1.9 11.8 40 0.01



Appendix V - 136 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-01 733.1 736.1 0.56 5600 0.55 2.7 165 25 24 30 4 14 0.6 13.3 25 0.01
KL28-01 736.1 739.1 0.99 9900 0.61 1.9 129 20 10 105 1 26 0.7 11.8 28 0.01
KL28-01 739.1 742.1 0.65 6500 0.46 2 140 23 16 16 1 20 1 8.3 38 0.01
KL28-01 742.1 745.1 2.06 20600 1.33 4.4 136 12 10 114 2 36 0.7 14.5 49 0.11
KL28-01 745.1 748.1 0.77 7700 0.5 1.8 48 16 13 46 1 28 0.5 10.8 28 0.11
KL28-01 748.1 751.1 0.48 4800 0.53 4.6 710 390 15 14 3 15 1.9 16.8 50 0.01
KL28-01 751.1 753 0.56 5600 0.5 2 136 16 34 25 3 19 1.5 12.5 35 0.1
KL28-01 753 754.5 0.18 1800 0.23 0.6 65 16 9 8 4 6 0.3 0.5 28 0.01
KL28-01 754.5 757.1 1.39 13900 1.37 4.8 188 14 30 16 4 24 1 13.5 30 0.01
KL28-01 757.1 760.1 1.4 14000 1.88 5.1 205 17 32 70 6 20 1.4 14.0 43 0.01
KL28-01 760.1 763.1 0.4 4000 0.4 2.3 357 500 24 24 3 12 2.1 18.3 48 0.01
KL28-01 763.1 766.1 1.39 13900 0.68 5.4 113 17 19 48 4 34 0.3 18.3 28 0.01
KL28-01 766.1 769.1 1.1 11000 0.44 6 110 20 43 195 12 22 0.3 21.0 80 0.01
KL28-01 769.1 772.1 1.09 10900 0.62 5.6 145 91 160 198 54 19 0.4 20.8 35 0.01
KL28-01 772.1 775.1 1 10000 0.45 3.3 92 17 13 450 1 14 0.01 9.8 30 0.01
KL28-01 775.1 777.1 1.37 13700 0.63 2.9 91 10 6 108 7 15 0.01 12.3 30 0.01
KL28-01 777.1 780.1 0.54 5400 0.21 1.2 56 10 8 30 5 14 0.01 8.8 25 0.01
KL28-01 780.1 781.6 0.57 5700 0.26 1.7 136 10 9 38 4 9 0.01 8.5 25 0.01
KL28-01 781.6 785.4 0.34 3400 0.13 1.7 115 32 12 15 3 9 0.2 4.5 27 0.01
KL28-01 785.4 788.4 1.01 10100 0.8 4.5 420 60 20 20 7 22 0.2 15.3 63 0.01
KL28-01 788.4 791.4 1.3 13000 1.6 5.6 310 18 27 12 6 25 0.3 41.8 40 0.01
KL28-01 791.4 793.1 1.3 13000 1.56 7.7 248 24 26 88 38 21 0.7 14.0 38 0.01
KL28-01 793.1 796.1 0.83 8300 0.82 9.1 1190 62 33 22 123 22 0.3 12.0 25 0.01
KL28-01 796.1 798 0.84 8400 0.76 8.7 990 171 34 8 20 19 0.7 5.5 35 0.01
KL28-01 798 800.3 0.49 4900 0.65 4.7 1030 216 29 4 8 14 0.5 6.5 35 0.01
KL28-01 800.3 802.1 0.169 1690 0.35 2.8 1650 320 20 3 11 9 0.01 2.3 25 0.01
KL28-01 802.1 805.1 0.083 830 0.17 0.9 1010 308 17 3 13 5 0.01 1.6 29 0.01
KL28-01 805.1 808.1 0.34 3400 0.51 2.6 910 147 24 3 5 12 0.2 3.8 30 0.01
KL28-01 808.1 811.1 0.346 3460 0.45 1.8 306 61 41 2 3 15 0.01 5.5 25 0.01
KL28-01 811.1 814.1 0.062 620 0.08 0.1 62 30 6 3 1 3 0.01 1.8 20 0.01
KL28-01 814.1 817.1 1.02 10200 1.41 2.4 139 24 3 2 1 10 0.01 4.5 13 0.01
KL28-01 817.1 820.1 0.115 1150 0.04 0.1 75 40 10 2 2 4 0.01 2.5 15 0.01
KL28-01 820.1 823.1 0.13 1300 0.07 0.1 54 23 9 4 2 4 0.01 2.3 15 0.01
KL28-01 823.1 824.9 0.034 340 0.06 0.1 17 12 2 2 1 3 0.01 1.8 18 0.01
KL28-02 0 2.5 0.0024 24 0.02 0.8 152 580 5 1 0.01 1 1.5 1.3 17 0.01
KL28-02 2.5 5.5 0.003 30 0.04 0.7 570 269 6 4 0.01 1 1.5 1.3 14 0.01
KL28-02 5.5 8.5 0.0015 15 0.03 0.1 121 91 6 3 0.01 1 0.8 1.6 22 0.01
KL28-02 8.5 11.5 0.0036 36 0.02 0.1 111 59 9 1 0.01 1 0.7 0.9 23 0.01
KL28-02 11.5 14.5 0.0005 5 0.01 0.1 26 27 13 1 0.01 1 0.3 1.1 27 0.01
KL28-02 14.5 17.5 0.0005 5 0.03 0.1 83 54 7 1 0.01 1 0.2 3.4 23 0.01
KL28-02 17.5 20.5 0.0005 5 0.01 0.1 42 34 5 1 0.01 1 0.2 1.4 17 0.01
KL28-02 20.5 23.5 0.0008 8 0.01 0.1 49 26 7 1 0.01 1 0.4 1.6 24 0.01
KL28-02 23.5 26.5 0.0013 13 0.01 0.1 42 28 6 1 0.01 1 0.4 1.4 31 0.01
KL28-02 26.5 29.5 0.0011 11 0.01 0.1 76 30 6 1 0.01 1 0.01 1.4 29 0.01
KL28-02 29.5 32.5 0.001 10 0.01 0.1 30 23 3 4 0.01 1 0.01 1.0 30 0.01
KL28-02 32.5 34.8 0.0011 11 0.01 0.1 44 32 5 1 0.01 1 0.2 1.7 26 0.01
KL28-02 34.8 36.9 0.0008 8 0.01 0.1 74 79 14 1 0.01 1 0.5 1.6 23 0.01
KL28-02 36.9 38.5 0.0028 28 0.01 1.6 98 520 14 1 3 1 1.5 7.7 29 0.01
KL28-02 38.5 41.5 0.0184 184 0.02 2 113 82 23 3 2 1 2.5 5.7 77 0.01
KL28-02 41.5 43.8 0.0178 178 0.06 1.2 85 151 30 5 2 1 2 3.9 70 0.01
KL28-02 43.8 45.7 0.047 470 0.13 2.6 640 234 47 7 3 1 1.8 6.5 123 0.01
KL28-02 45.7 47.5 0.084 840 0.46 31.2 12700 15300 240 6 28 1 24 88.0 27 0.1
KL28-02 47.5 50.5 0.0148 148 0.14 7.9 620 2270 48 4 12 1 4.4 6.3 31 0.01
KL28-02 50.5 53.5 0.0124 124 0.18 2.1 157 1070 41 1 1 1 5.9 1.2 30 0.01
KL28-02 53.5 56.5 0.0118 118 0.06 9.4 272 4680 26 11 7 1 3.6 2.6 37 0.01
KL28-02 56.5 59.5 0.0326 326 0.25 7.9 440 4680 39 6 5 1 3.7 5.2 36 0.01
KL28-02 59.5 62.5 0.0085 85 0.05 1.7 126 1500 21 5 1 1 2.8 0.0 18 0.01
KL28-02 62.5 65 0.0104 104 0.02 1.2 105 480 13 7 1 1 1.1 1.0 19 0.01
KL28-02 65 68 0.0075 75 0.02 0.7 72 209 16 13 0.01 1 2 0.7 19 0.01
KL28-02 68 71 0.0058 58 0.01 0.1 40 85 11 5 0.01 1 1.2 0.0 16 0.01
KL28-02 71 72.6 0.0114 114 0.01 0.1 41 135 8 5 0.01 1 0.4 0.7 20 0.01
KL28-02 72.6 75.6 0.0057 57 0.01 0.1 25 66 2 4 0.01 1 0.01 0.9 13 0.01
KL28-02 75.6 78.7 0.0065 65 0.01 0.1 27 53 4 7 0.01 1 0.01 0.7 14 0.01



Appendix V - 137 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-02 78.7 81.5 0.0035 35 0.01 0.1 31 60 4 6 0.01 1 0.3 0.8 7 0.01
KL28-02 81.5 82.9 0.0071 71 0.01 0.1 27 42 9 7 0.01 1 1.3 0.0 17 0.01
KL28-02 82.9 84.7 0.0027 27 0.01 0.1 19 34 3 4 0.01 1 0.01 0.0 9 0.01
KL28-02 84.7 87.7 0.0033 33 0.02 1.5 106 335 11 3 0.01 1 2 0.0 12 0.01
KL28-02 87.7 90.7 0.0063 63 0.02 0.1 31 60 11 3 0.01 1 0.4 0.9 16 0.01
KL28-02 90.7 93.7 0.0091 91 0.03 7.6 980 1510 20 1 0.01 1 4 3.7 21 0.01
KL28-02 93.7 96.5 0.0071 71 0.08 6.5 950 1600 16 4 0.01 1 5.9 3.7 25 0.01
KL28-02 96.5 99.1 0.0056 56 0.08 3.7 560 1480 13 4 0.01 1 5.1 1.9 25 0.01
KL28-02 99.1 102.2 0.0051 51 0.07 3 230 500 13 4 0.01 1 2.2 1.6 18 0.01
KL28-02 102.2 105.5 0.0056 56 0.09 3.6 262 480 13 6 0.01 1 2.6 1.7 18 0.01
KL28-02 105.5 108 0.0045 45 0.05 2.8 229 390 8 4 0.01 1 3.1 1.5 20 0.01
KL28-02 108 110.5 0.0028 28 0.04 4.6 530 760 5 1 0.01 1 3.8 2.7 19 0.01
KL28-02 110.5 113.5 0.0075 75 0.03 8.2 1320 1330 18 1 0.01 1 4.7 4.5 23 0.01
KL28-02 113.5 116.2 0.64 6400 0.15 7.1 395 269 170 28 0.01 6 40 4.3 174 0.01
KL28-02 116.2 119 0.0041 41 0.04 3.4 333 740 6 3 0.01 1 3.1 1.9 23 0.01
KL28-02 119 121.5 0.0031 31 0.02 2.5 208 470 3 1 0.01 1 2.1 2.2 23 0.01
KL28-02 121.5 124.5 0.0027 27 0.02 1.2 212 275 1 1 0.01 1 1.2 0.8 25 0.01
KL28-02 124.5 127 0.0042 42 0.03 3.8 1060 540 7 1 0.01 1 2.1 3.0 23 0.01
KL28-02 127 130 0.0022 22 0.02 1.7 121 277 4 3 0.01 1 1.3 1.7 26 0.01
KL28-02 130 133 0.0019 19 0.03 4.1 182 1080 6 4 0.01 1 3.8 2.1 25 0.01
KL28-02 133 136 0.0025 25 0.03 5.1 289 1980 6 5 0.01 1 4.6 2.0 22 0.01
KL28-02 136 139 0.0021 21 0.02 1 143 201 4 5 0.01 1 0.9 1.1 21 0.01
KL28-02 139 142 0.0022 22 0.02 1.5 223 310 6 6 0.01 1 0.8 1.0 17 0.01
KL28-02 142 144.8 0.0019 19 0.02 1.5 450 361 3 6 0.01 1 1.1 1.2 15 0.01
KL28-02 144.8 147.8 0.0022 22 0.02 2.3 670 480 6 7 0.01 1 1.6 1.6 12 0.01
KL28-02 147.8 150.2 0.0031 31 0.03 1.8 410 590 4 7 0.01 1 1.4 1.0 17 0.01
KL28-02 150.2 152.2 0.0068 68 0.04 5.2 2040 2050 14 8 0.01 1 3.2 2.6 10 0.01
KL28-02 152.2 155.2 0.0034 34 0.02 1.6 700 660 7 6 0.01 1 2 1.6 15 0.01
KL28-02 155.2 158.5 0.0129 129 0.06 1.3 430 600 16 9 0.01 1 1.1 1.7 13 0.01
KL28-02 158.5 161.5 0.0046 46 0.03 1.1 157 260 11 5 0.01 1 0.7 1.2 11 0.01
KL28-02 161.5 164.5 0.0057 57 0.02 1 382 312 7 8 0.01 1 0.8 1.2 10 0.01
KL28-02 164.5 167.2 0.0059 59 0.02 6.1 1810 1860 9 12 2 1 2.7 3.9 11 0.01
KL28-02 167.2 170 0.0059 59 0.18 11.9 204 670 200 15 3 13 5.3 7.0 47 0.01
KL28-02 170 172.5 0.0035 35 0.02 1.9 162 230 10 10 1 1 0.8 1.2 12 0.01
KL28-02 172.5 175.8 0.0047 47 0.09 4.5 1070 1440 9 14 1 1 3.5 3.8 19 0.01
KL28-02 175.8 178 0.0033 33 0.03 2.3 520 750 4 29 1 1 1.4 2.6 15 0.01
KL28-02 178 180.8 0.085 850 0.07 7.6 2460 3630 14 8 2 1 6 11.8 18 0.01
KL28-02 180.8 183.7 0.0042 42 0.04 2.4 740 810 5 8 1 1 1.7 3.1 15 0.01
KL28-02 183.7 186.7 0.0042 42 0.04 1.8 317 470 8 6 1 1 1.1 2.1 15 0.01
KL28-02 186.7 189 0.0164 164 0.05 2 470 328 8 32 3 1 0.9 4.5 17 0.01
KL28-02 189 192 0.0298 298 0.2 6.7 2350 1810 38 30 9 1 4.4 6.8 19 0.1
KL28-02 192 194.9 0.0112 112 0.14 4.2 1040 1340 13 22 6 1 1.9 4.8 19 0.01
KL28-02 194.9 198 0.054 540 0.14 10.4 7200 6700 140 13 6 1 7.7 7.0 24 0.16
KL28-02 198 201 0.112 1120 0.25 13.2 5100 3400 140 16 27 1 11.1 15.5 48 0.17
KL28-02 201 204 0.069 690 0.52 19.3 9200 15500 130 33 32 1 9.8 23.0 47 0.26
KL28-02 204 207 0.093 930 0.34 16.9 7100 1780 86 31 44 1 1.7 12.3 32 0.01
KL28-02 207 210 0.095 950 0.33 19.2 3970 2820 67 29 50 1 1.8 20.8 38 0.01
KL28-02 210 213 0.97 9700 2.03 62 40200 6000 230 7 380 14 2.3 168.0 115 0.29
KL28-02 213 216 1.56 15600 1.68 47 403 630 130 17 323 28 0.9 50.5 138 0.01
KL28-02 216 219 0.96 9600 2.01 33 3600 700 93 64 233 12 1.2 69.0 122 0.01
KL28-02 219 221 1.33 13300 1.4 13.8 207 90 160 590 187 16 3.9 45.5 150 0.13
KL28-02 221 224.5 0.188 1880 0.27 2.2 59 38 130 700 7 6 0.6 19.5 301 0.01
KL28-02 224.5 227.5 0.35 3500 0.72 3.9 223 127 1001 1200 12 10 2.5 22.3 236 0.1
KL28-02 227.5 230.2 0.347 3470 0.64 3.5 600 183 46 1180 10 9 2.2 24.3 306 0.1
KL28-02 230.2 233 1.51 15100 1.38 9.3 570 210 170 73 4 25 5.4 31.0 193 0.22
KL28-02 233 236 1.08 10800 1.24 6.6 360 114 120 600 4 25 2.7 45.5 151 0.15
KL28-02 236 239 0.6 6000 0.7 4.4 283 77 95 704 3 17 1 24.0 214 0.18
KL28-02 239 242 0.5 5000 0.6 2.5 287 43 40 69 1 18 1.8 12.0 140 0.11
KL28-02 242 245 0.68 6800 0.76 3 309 76 95 83 3 37 2.4 38.3 221 0.22
KL28-02 245 248 1.95 19500 1.39 7 164 29 69 895 2 126 1 39.3 146 0.4
KL28-02 248 251 0.69 6900 0.68 2 116 26 21 48 2 25 1.3 19.8 197 0.11
KL28-02 251 254 0.65 6500 1.2 3 242 44 66 113 2 20 2.2 18.8 168 0.21
KL28-02 254 257 0.75 7500 1.42 4.8 190 33 30 62 2 21 1.4 19.3 242 0.2



Appendix V - 138 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-02 257 260 0.73 7300 1.84 3.8 133 16 25 57 1 21 1.1 26.0 135 0.31
KL28-02 260 263 1.09 10900 1.63 4 94 9 12 46 1 35 0.5 39.5 72 0.1
KL28-02 263 266 1.5 15000 1.86 4.8 106 8 11 48 1 30 0.7 38.5 55 0.01
KL28-02 266 269 3.65 36500 3.44 13.1 301 109 350 35 1 101 1 36.5 129 1.15
KL28-02 269 272 8.42 84200 6.86 16.8 6300 2600 740 924 0.01 141 0.8 57.5 139 2
KL28-02 272 274.8 3.23 32300 3.9 8 194 17 1 196 0.01 75 0.01 32.0 29 0.01
KL28-02 274.8 278 3.37 33700 3.66 9.2 155 9 0.01 86 0.01 131 0.01 40.0 48 0.01
KL28-02 278 281 2.18 21800 2.41 6.8 130 8 4 211 1 189 0.01 63.5 65 0.01
KL28-02 281 283.9 4.05 40500 4.56 12.5 153 12 1 191 1 265 0.01 39.5 71 0.01
KL28-02 283.9 286.8 3.4 34000 3.14 8.4 119 50 280 136 1 146 0.5 34.0 183 0.18
KL28-02 286.8 289.7 4.03 40300 3.94 13 120 28 220 72 0.01 201 0.3 41.0 144 0.28
KL28-02 289.7 292.8 4.2 42000 6.64 13.3 180 11 8 58 1 102 0.01 29.0 167 0.01
KL28-02 292.8 295.8 4.17 41700 5.97 11.6 268 11 5 165 1 92 0.3 38.5 202 0.01
KL28-02 295.8 298.8 3.33 33300 4.32 8 231 86 23 81 1 78 2.3 21.0 95 0.01
KL28-02 298.8 301.5 2.45 24500 3.57 6.8 86 21 13 149 1 111 0.3 26.5 217 0.01
KL28-02 301.5 304.5 7.73 77300 8.82 26.6 540 12 7 75 1 108 1.2 42.5 118 0.01
KL28-02 304.5 307.5 1.52 15200 1.62 5.1 35 8 5 423 1 52 0.3 37.3 188 0.01
KL28-02 307.5 310.5 2.21 22100 1.57 5.5 54 12 7 500 1 69 0.3 31.0 241 0.26
KL28-02 310.5 313.5 1.66 16600 2.57 9.5 200 24 66 600 1 147 1.8 73.2 237 0.01
KL28-02 313.5 316.5 6.46 64600 6.38 17.7 291 48 17 290 0.01 64 0.5 45.0 240 0.01
KL28-02 316.5 319.6 3.88 38800 5.37 13 236 12 0.01 42 1 47 0.2 20.0 128 0.01
KL28-02 319.6 322.6 3.14 31400 4.27 10.3 247 11 2 13 1 58 0.01 16.0 83 0.01
KL28-02 322.6 325.3 3.53 35300 4.74 14.4 440 12 12 17 2 55 0.7 32.0 279 0.01
KL28-02 325.3 328 2.16 21600 3.34 8.8 336 28 39 64 3 77 1 35.0 274 0.01
KL28-02 328 331 3.85 38500 4.22 15.6 570 136 410 225 1 80 7.3 47.0 248 0.2
KL28-02 331 334 1 10000 1 3.2 412 130 90 480 1 69 2.8 47.5 285 0.01
KL28-02 334 337 1.75 17500 1.68 5 77 31 96 320 1 75 1.3 42.0 423 0.01
KL28-02 337 340 1.62 16200 1.54 4.7 51 16 27 340 1 73 0.6 42.5 255 0.01
KL28-02 340 343 1.4 14000 1.86 5.7 55 16 24 275 2 68 0.6 41.5 336 0.15
KL28-02 343 346 2.07 20700 2.82 11.1 141 23 19 83 4 52 0.3 47.2 350 0.15
KL28-02 346 349 3.91 39100 4.32 23.8 590 35 45 3 3 25 1 42.0 217 0.01
KL28-02 349 352 1.81 18100 2.94 8.5 135 27 39 11 6 26 0.5 30.0 337 0.01
KL28-02 352 355 2.35 23500 3.06 16.1 357 21 44 14 7 80 0.7 38.0 289 0.01
KL28-02 355 358 2.38 23800 1.86 13.8 1320 24 61 7 10 71 0.5 32.0 322 0.01
KL28-02 358 361 1.8 18000 1.2 5.5 86 16 96 203 5 22 0.6 20.0 290 0.01
KL28-02 361 364 2.67 26700 2.62 18.7 363 23 82 730 7 13 0.5 33.0 265 0.01
KL28-02 364 367 3.22 32200 35.1 30 570 29 150 240 4 11 0.7 22.0 170 0.01
KL28-02 367 370 3.21 32100 17.3 43.7 1070 31 61 170 12 137 0.5 46.0 190 0.01
KL28-02 370 373 0.99 9900 3.56 8.4 254 37 140 163 46 15 1 48.8 293 0.01
KL28-02 373 376 3.48 34800 4.82 14 365 52 220 20 126 6 1.8 32.0 253 0.01
KL28-02 376 379 2.93 29300 3.02 33.5 620 101 270 11 224 3 1.8 31.0 256 0.01
KL28-02 379 382 0.52 5200 2.36 21.5 72000 750 200 3 334 10 2 83.2 195 0.01
KL28-02 382 385 1.51 15100 3.26 14.5 23200 154 170 10 250 1 3.4 18.0 151 0.01
KL28-02 385 385.6 0.47 4700 1.47 12 9300 1530 140 38 190 5 3 27.1 317 0.01
KL28-02 385.6 388 0.0314 314 0.42 1.7 1160 540 32 34 18 1 1.3 5.0 38 0.01
KL28-02 388 391 0.0112 112 0.2 2.3 2800 3800 40 3 2 3 1.9 6.7 29 0.01
KL28-02 391 394 0.075 750 0.27 0.9 1650 58 30 7 19 1 2.1 14.7 33 0.01
KL28-02 394 397 0.0335 335 0.16 0.7 395 272 50 15 3 3 1.2 5.5 37 0.01
KL28-02 397 400 0.0039 39 0.18 0.1 142 80 65 3 1 1 0.8 1.2 34 0.01
KL28-02 400 403 0.0168 168 0.49 1.3 1550 910 38 14 28 1 2.1 5.7 48 0.01
KL28-02 403 406 0.0195 195 0.17 1.3 325 170 43 21 22 3 2.8 4.0 35 0.01
KL28-02 406 409 0.0135 135 0.33 0.1 254 80 45 11 1 1 2 0.7 33 0.01
KL28-02 409 412 0.0112 112 0.25 0.8 520 393 38 8 3 1 1.9 6.2 43 0.01
KL28-02 412 415 0.0075 75 0.1 0.9 245 440 38 76 3 1 2.9 5.7 31 0.01
KL28-02 415 418 0.0075 75 0.47 2.5 580 2600 110 12 4 1 4 17.0 42 0.01
KL28-02 418 421 0.0036 36 0.57 0.1 117 52 160 19 0.01 3 2 1.7 48 0.01
KL28-02 421 424 0.0055 55 0.15 0.1 66 27 120 13 0.01 3 1.1 0.5 29 0.01
KL28-02 424 427 0.0231 231 0.22 2.6 720 660 110 21 2 1 5.1 3.8 48 0.01
KL28-02 427 430 0.0081 81 0.19 0.1 394 271 120 32 0.01 1 2.5 1.9 44 0.01
KL28-02 430 433 0.0072 72 0.23 0.1 199 110 160 54 1 1 2.8 1.5 43 0.01
KL28-02 433 436 0.0144 144 0.23 0.5 330 105 160 130 2 1 3 2.6 54 0.01
KL28-02 436 439 0.0115 115 0.09 2.9 2400 1500 74 19 5 1 2.6 7.5 32 0.01
KL28-02 439 442 0.0072 72 0.08 0.1 328 142 39 11 1 1 1.7 1.7 31 0.01



Appendix V - 139 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-02 442 445 0.0115 115 0.05 8.2 7100 4400 27 3 12 1 4.9 19.8 35 0.01
KL28-02 445 448 0.0036 36 0.04 0.1 27 23 20 3 0.01 2 0.6 0.0 23 0.01
KL28-02 448 451 0.0038 38 0.06 0.1 208 155 19 2 0.01 1 1 1.2 25 0.01
KL28-02 451 454 0.0049 49 0.08 0.1 293 205 20 4 0.01 1 1 1.2 23 0.01
KL28-02 454 457 0.0104 104 0.04 0.1 61 34 18 5 0.01 1 0.4 1.0 23 0.01
KL28-02 457 460 0.0102 102 0.19 0.1 130 65 40 27 0.01 1 2 1.7 33 0.01
KL28-02 460 462.5 0.0152 152 0.23 1.1 630 225 56 26 2 3 2.4 1.5 56 0.01
KL28-02 462.5 465 0.0174 174 0.3 1.1 125 110 110 340 6 4 4.5 2.0 55 0.01
KL28-02 465 468 0.0078 78 0.11 0.1 72 32 38 19 0.01 1 0.8 0.0 26 0.01
KL28-02 468 471 0.0132 132 0.17 0.7 229 211 48 8 0.01 1 2.6 1.9 46 0.01
KL28-02 471 474 0.0067 67 0.19 0.1 30 33 48 19 0.01 1 1.6 1.0 40 0.01
KL28-02 474 477 0.0058 58 0.15 0.5 150 147 29 4 2 1 1 14.0 23 0.01
KL28-02 477 480 0.0061 61 0.3 0.6 76 31 110 24 1 3 2.2 3.0 42 0.01
KL28-02 480 483 0.0053 53 0.58 1.5 62 34 120 14 0.01 1 3.3 8.2 48 0.01
KL28-02 483 485.5 0.0054 54 0.2 0.1 76 30 78 11 0.01 3 1.3 2.5 39 0.01
KL28-02 485.5 488.5 0.0058 58 0.12 0.1 63 20 30 7 0.01 1 1.5 0.8 25 0.01
KL28-02 488.5 491.5 0.0048 48 0.11 0.1 90 28 29 2 0.01 1 1.8 1.1 24 0.01
KL28-02 491.5 494.5 0.0043 43 0.11 0.5 75 33 44 7 0.01 4 1.7 0.6 23 0.01
KL28-02 494.5 497.5 0.0048 48 0.08 3.1 2200 1800 40 5 0.01 2 5.1 7.7 26 0.01
KL28-02 497.5 500.5 0.003 30 0.16 1 560 410 42 3 0.01 3 2.3 2.5 22 0.01
KL28-02 500.5 503.5 0.0041 41 0.1 1.7 1440 860 42 3 0.01 1 5.2 3.0 25 0.01
KL28-02 503.5 506.5 0.0095 95 0.33 8.3 3050 1500 160 2 0.01 3 24 10.6 34 0.01
KL28-02 506.5 509.5 0.0058 58 3.3 2.7 172 80 550 3 0.01 4 55 7.5 53 0.01
KL28-02 509.5 512.5 0.0039 39 0.23 2.3 262 960 71 1 0.01 1 7.4 5.2 26 0.01
KL28-02 512.5 515.5 0.0018 18 0.23 0.1 50 29 49 9 0.01 3 4.5 0.7 25 0.01
KL28-02 515.5 518.5 0.0022 22 0.19 0.1 103 43 100 3 0.01 3 5.8 2.2 30 0.01
KL28-02 518.5 521.5 0.0016 16 0.23 0.1 120 31 84 4 0.01 4 8.9 1.2 27 0.01
KL28-02 521.5 524.5 0.0039 39 1.03 0.1 214 168 105 4 0.01 1 22 2.7 23 0.01
KL28-02 524.5 527.5 0.193 1930 0.75 2.5 367 132 250 11 7 3 24 7.2 36 0.01
KL28-02 527.5 530.5 0.0339 339 1.15 4.4 970 243 159 280 45 6 15.5 7.7 56 0.01
KL28-02 530.5 533.5 0.0089 89 0.21 1.8 233 156 98 560 18 12 2.7 5.0 110 0.01
KL28-02 533.5 536.5 0.026 260 0.31 10.8 6100 2400 46 35 40 28 3 0.0 178 0.01
KL28-02 536.5 539.5 0.33 3300 0.57 172 51400 30100 120 116 368 14 6.5 75.0 239 0.01
KL28-02 539.5 542.5 0.109 1090 0.52 64 17000 11600 77 42 137 9 2.9 47.0 345 0.01
KL28-02 542.5 545.5 0.058 580 0.25 14.8 5600 5200 44 15 35 5 6.4 7.3 430 0.01
KL28-02 545.5 548.5 0.0199 199 0.24 4.9 1530 1100 40 16 10 5 2.7 4.0 390 0.01
KL28-02 548.5 551.5 0.0178 178 0.28 7.1 1620 1090 33 9 25 8 1.7 6.5 321 0.01
KL28-02 551.5 554.5 0.0112 112 0.22 2.3 490 317 34 4 6 10 1.2 3.7 311 0.01
KL28-02 554.5 557.5 0.0201 201 0.12 2.9 850 410 29 43 5 1 1.2 2.5 300 0.01
KL28-02 557.5 560.5 0.0121 121 0.13 1.6 258 720 28 19 4 3 0.8 3.0 470 0.01
KL28-02 560.5 563.5 0.0169 169 0.24 1.1 72 90 48 13 3 8 3.6 3.5 375 0.01
KL28-02 563.5 566.5 0.0155 155 0.53 1.9 340 228 110 30 6 9 2.1 5.5 265 0.01
KL28-02 566.5 569.5 0.0125 125 0.27 5.9 1020 1260 43 114 15 3 0.9 4.0 230 0.01
KL28-02 569.5 572.5 0.078 780 0.37 17.6 12800 6700 130 235 41 1 3.2 26.5 72 0.01
KL28-02 572.5 575.5 0.0069 69 0.21 3.2 1620 1270 20 8 2 1 1.9 9.5 40 0.01
KL28-02 575.5 578.5 0.53 5300 0.72 27.1 2500 1900 220 1240 55 10 33 18.7 33 0.01
KL28-02 578.5 581.5 0.0391 391 0.27 13.6 9800 7300 46 37 7 1 9.8 30.3 33 0.01
KL28-02 581.5 584.5 0.0058 58 0.09 2.3 850 800 9 8 2 1 1.2 5.3 24 0.01
KL28-02 584.5 587.5 0.0395 395 0.29 17.5 14600 11800 27 18 4 1 14.4 31.6 33 0.01
KL28-02 587.5 590.5 0.0038 38 0.12 1.4 730 540 10 6 1 1 0.8 0.7 20 0.01
KL28-02 590.5 593.5 0.0017 17 0.05 0.6 262 340 3 1 0.01 1 0.9 0.0 20 0.01
KL28-02 593.5 596.5 0.0037 37 0.05 0.1 74 92 4 2 0.01 1 0.6 0.6 31 0.01
KL28-02 596.5 599.5 0.0014 14 0.03 0.1 63 156 4 5 0.01 1 0.5 0.6 26 0.01
KL28-02 599.5 602.5 0.0009 9 0.03 0.1 44 75 6 5 0.01 1 0.2 0.5 28 0.01
KL28-02 602.5 605.5 0.0043 43 0.09 4 213 3000 17 10 0.01 1 5.4 2.0 25 0.01
KL28-02 605.5 608.5 0.0418 418 0.45 6.6 11400 2200 51 29 0.01 1 6.9 7.0 37 0.01
KL28-02 608.5 611.5 0.0081 81 0.21 4.6 1850 2800 15 13 0.01 1 3.2 7.7 36 0.01
KL28-02 611.5 614.5 0.0035 35 0.06 0.1 120 94 4 6 0.01 1 0.5 1.7 29 0.01
KL28-02 614.5 617.5 0.0026 26 0.1 1.1 580 260 4 5 0.01 1 1 1.2 23 0.01
KL28-02 617.5 620.5 0.0097 97 0.23 1.2 227 175 33 7 0.01 1 2.2 4.0 32 0.01
KL28-02 620.5 623.5 0.0045 45 0.19 7.3 2300 7000 26 12 0.01 1 8.6 15.2 50 0.01
KL28-02 623.5 626.5 0.0017 17 0.15 1 110 119 12 8 0.01 3 0.7 3.0 33 0.01
KL28-02 626.5 629.5 0.0035 35 0.12 1.4 440 600 12 6 0.01 1 2 4.6 32 0.01



Appendix V - 140 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-02 629.5 632.5 0.073 730 0.73 2.9 2100 132 68 48 122 6 4.5 15.3 84 0.01
KL28-02 632.5 635.5 0.0036 36 0.18 1.5 1640 950 24 12 2 4 3.9 8.5 32 0.01
KL28-02 635.5 638.5 0.0019 19 0.19 0.5 182 127 18 11 0.01 1 1.7 6.0 34 0.01
KL28-02 638.5 641.5 0.0259 259 0.35 1.7 1020 490 31 22 7 3 6.1 9.7 47 0.01
KL28-02 641.5 644.5 0.0031 31 0.25 0.7 530 284 14 7 0.01 4 1.1 2.7 21 0.01
KL28-02 644.5 647.5 0.072 720 0.08 2.5 367 180 55 9 0.01 4 2.1 4.7 22 0.01
KL28-02 647.5 650.5 0.0022 22 0.09 0.6 175 232 7 3 0.01 1 0.7 1.3 19 0.01
KL28-02 650.5 653 0.0014 14 0.06 0.1 48 27 3 3 0.01 1 0.4 0.0 15 0.01
KL28-02 653 656.2 0.0032 32 0.15 0.6 140 73 4 3 0.01 1 0.7 0.0 12 0.01
KL28-02 656.2 658.4 0.0052 52 0.06 0.1 50 47 8 4 0.01 1 1.3 1.2 16 0.01
KL28-03 0 3 0.0056 56 0.01 0.1 53 26 6 4 0.01 1 0.7 0.8 22 0.01
KL28-03 3 6 0.0025 25 0.01 0.1 395 122 8 2 0.01 1 1 0.6 15 0.01
KL28-03 6 9 0.0102 102 0.1 1.1 430 184 21 3 0.01 1 2.3 4.3 29 0.01
KL28-03 9 12 0.0092 92 0.01 0.1 47 42 6 2 0.01 1 0.6 0.9 24 0.01
KL28-03 12 15 0.0026 26 0.01 0.1 27 25 3 2 0.01 1 0.5 1.2 28 0.01
KL28-03 15 18 0.0028 28 0.01 0.1 44 43 6 2 0.01 1 0.6 0.7 31 0.01
KL28-03 18 21 0.0041 41 0.01 0.1 25 23 2 2 0.01 1 0.4 1.0 25 0.01
KL28-03 21 24 0.0029 29 0.01 0.1 104 361 4 1 0.01 1 1 2.2 24 0.01
KL28-03 24 27 0.006 60 0.02 0.1 195 87 7 1 0.01 1 1 1.2 25 0.01
KL28-03 27 30 0.0051 51 0.01 0.1 37 21 6 2 0.01 1 0.7 1.2 30 0.01
KL28-03 30 33 0.0036 36 0.01 0.1 27 16 2 1 0.01 1 0.4 1.5 30 0.01
KL28-03 33 36 0.003 30 0.01 0.1 73 22 4 1 0.01 1 0.3 1.0 36 0.01
KL28-03 36 39 0.0037 37 0.01 0.1 40 23 2 1 0.01 1 0.3 0.9 29 0.01
KL28-03 39 42 0.0032 32 0.01 0.1 37 32 4 1 0.01 1 0.4 1.3 23 0.01
KL28-03 42 45 0.0046 46 0.01 1.1 191 540 4 1 0.01 1 1.9 2.6 32 0.01
KL28-03 45 48 0.0133 133 0.01 0.7 68 194 8 1 1 1 3.8 1.2 57 0.01
KL28-03 48 51 0.0098 98 0.02 0.9 72 156 16 3 1 1 2.6 3.5 60 0.01
KL28-03 51 54 0.0298 298 0.01 1.2 63 199 33 4 3 5 2.8 6.6 83 0.01
KL28-03 54 56.5 0.0087 87 0.05 4.6 630 1850 15 4 2 1 1.8 10.3 13 0.01
KL28-03 56.5 59.5 0.0152 152 0.27 18.2 1000 4600 25 11 40 1 5.2 15.9 38 0.01
KL28-03 59.5 62 0.021 210 0.11 2.6 316 820 15 6 2 1 5.2 2.2 46 0.01
KL28-03 62 65 0.0124 124 0.01 1.1 145 292 33 3 0.01 1 3.1 0.0 17 0.01
KL28-03 65 68 0.0087 87 0.01 1.6 134 1720 15 12 0.01 1 4.5 1.5 26 0.01
KL28-03 68 71 0.0127 127 0.03 2.2 135 1300 8 11 0.01 1 3.2 1.8 31 0.01
KL28-03 71 74 0.014 140 0.04 1.6 156 190 7 6 0.01 1 1.1 1.2 24 0.01
KL28-03 74 77 0.0081 81 0.08 1.6 780 550 7 7 0.01 1 2.7 1.0 21 0.01
KL28-03 77 79.8 0.0114 114 0.02 2 80 170 9 8 1 1 0.9 4.1 24 0.01
KL28-03 79.8 83.5 0.0106 106 0.02 1 72 215 5 5 0.01 1 0.6 0.8 24 0.01
KL28-03 83.5 86.5 0.0084 84 0.05 0.8 60 108 2 4 0.01 1 0.6 1.6 22 0.01
KL28-03 86.5 89.5 0.0073 73 0.03 0.7 36 139 2 4 0.01 1 0.5 1.0 25 0.01
KL28-03 89.5 92.5 0.0067 67 0.02 0.1 40 103 1 3 0.01 1 0.7 0.9 21 0.01
KL28-03 92.5 95.6 0.0042 42 0.01 0.1 28 108 2 4 0.01 1 0.3 0.7 13 0.01
KL28-03 95.6 98.4 0.003 30 0.15 0.9 47 195 3 7 0.01 1 0.6 0.0 17 0.01
KL28-03 98.4 101.4 0.0033 33 0.05 0.8 39 163 2 5 0.01 1 1.5 0.7 14 0.01
KL28-03 101.4 104 0.0057 57 0.02 1.5 83 293 4 7 0.01 1 0.6 1.6 17 0.01
KL28-03 104 108 0.0039 39 0.12 1.5 66 342 3 6 0.01 1 1 2.0 17 0.01
KL28-03 108 111 0.0026 26 0.27 1.8 57 340 4 6 0.01 1 1.3 1.6 20 0.01
KL28-03 111 114 0.075 750 0.71 63 12100 16700 170 16 4 1 42 10.5 37 0.25
KL28-03 114 116.5 0.0098 98 0.46 10 1130 1650 70 12 1 4 6.9 6.7 21 0.01
KL28-03 116.5 119.7 0.014 140 0.34 7.4 740 1210 63 11 3 2 7.8 2.7 20 0.01
KL28-03 119.7 123 0.0142 142 0.38 7 1120 1410 57 12 2 2 7.7 3.0 20 0.01
KL28-03 123 126 0.004 40 0.1 6.1 760 1160 22 6 0.01 1 6 4.6 27 0.01
KL28-03 126 128.8 0.0043 43 0.03 2.7 347 860 11 5 2 1 2.5 2.5 22 0.01
KL28-03 128.8 131.8 0.0018 18 0.06 1.5 120 316 4 3 1 1 2 3.5 22 0.01
KL28-03 131.8 133.2 0.0029 29 0.1 2.2 316 640 12 14 0.01 1 5.1 2.7 32 0.01
KL28-03 133.2 135 0.0016 16 0.06 1.2 130 303 13 8 0.01 1 3 1.7 26 0.01
KL28-03 135 138 0.003 30 0.07 2.8 147 610 12 6 2 1 3.1 3.1 30 0.01
KL28-03 138 140.5 0.009 90 0.23 16.4 3320 3250 45 16 25 2 7.5 13.1 27 0.1
KL28-03 140.5 144 0.0056 56 0.24 3.2 450 460 32 5 2 3 2.3 6.0 28 0.01
KL28-03 144 147 0.0047 47 0.09 3.9 220 750 14 3 2 1 4.1 4.0 30 0.01
KL28-03 147 150 0.008 80 0.78 7.9 1210 1470 70 29 4 5 7.5 10.6 31 0.1
KL28-03 150 153 0.0054 54 0.46 5 600 710 67 19 2 3 5 5.5 57 0.01
KL28-03 153 156 0.0056 56 0.17 7 1270 1260 35 17 7 3 5.4 4.5 30 0.01



Appendix V - 141 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-03 156 159 0.007 70 0.18 5.8 1190 1100 47 27 5 2 6.7 5.7 27 0.1
KL28-03 159 161.2 0.0054 54 0.1 5.3 870 940 24 40 6 1 5.3 5.7 34 0.11
KL28-03 161.2 164.8 0.0053 53 0.09 7.7 470 1420 22 12 9 1 4.6 6.0 40 0.01
KL28-03 164.8 167.8 0.0033 33 0.05 3.1 840 2050 12 13 2 1 3.9 2.6 27 0.01
KL28-03 167.8 171 0.0048 48 0.05 3 960 2760 12 20 2 1 3.7 3.5 16 0.01
KL28-03 171 174 0.0078 78 0.11 3 570 3240 17 32 1 1 6.2 3.5 17 0.01
KL28-03 174 177 0.0046 46 0.04 2.3 500 1280 11 30 2 2 2.6 3.7 13 0.01
KL28-03 177 180 0.0183 183 0.06 5.8 780 1540 56 43 3 1 7.7 6.7 20 0.01
KL28-03 180 183 0.0089 89 0.02 1.4 520 420 27 30 1 1 2.1 4.5 16 0.01
KL28-03 183 186 0.0197 197 0.05 5 2470 2840 33 30 4 1 5.1 5.2 16 0.11
KL28-03 186 189 0.0148 148 0.02 2.8 1850 1250 37 23 2 2 4.3 5.0 18 0.01
KL28-03 189 192 0.0165 165 0.05 2.5 3560 1600 15 23 3 1 3.3 3.5 17 0.01
KL28-03 192 195 0.0103 103 0.05 2.4 970 1220 16 17 4 1 2.4 6.5 19 0.01
KL28-03 195 198 0.0175 175 0.14 10.3 8740 5800 36 32 7 1 20 6.5 19 0.15
KL28-03 198 201 0.0238 238 0.13 12.4 5640 8400 46 61 20 1 11.8 42.3 21 0.01
KL28-03 201 204 0.0286 286 0.06 2.3 560 400 87 63 3 1 9.2 4.8 24 0.01
KL28-03 204 207 0.0189 189 0.07 11.1 6120 4300 31 27 22 3 6.7 9.6 22 0.01
KL28-03 207 210 0.0294 294 0.03 3 850 670 83 19 5 1 11.3 5.4 21 0.01
KL28-03 210 213 0.08 800 0.06 5.5 1610 1380 270 82 11 3 24 9.3 17 0.01
KL28-03 213 216 0.336 3360 0.07 9.2 2610 860 820 148 10 2 42 5.2 23 0.14
KL28-03 216 219 0.193 1930 0.12 4.3 1080 610 240 85 6 5 18 8.0 20 0.11
KL28-03 219 222.4 0.225 2250 0.28 10 11100 3250 140 38 14 3 7.9 25.0 27 2.59
KL28-03 222.4 225 0.34 3400 0.78 5.5 20700 136 380 115 9 42 5.8 41.5 133 0.25
KL28-03 225 228 0.22 2200 1.06 7.2 28400 283 73 13 52 11 7.1 29.0 62 0.47
KL28-03 228 231 1.02 10200 1.52 15.7 12200 460 210 20 81 37 6.5 63.0 169 1.66
KL28-03 231 234 1.47 14700 2.36 10.2 8440 276 100 9 49 35 3.4 55.0 125 1.34
KL28-03 234 237 1.24 12400 1.8 7.4 610 217 55 51 10 23 2.7 48.0 111 0.43
KL28-03 237 240 1.36 13600 1.45 6.2 920 356 120 48 3 43 3.5 41.8 140 0.71
KL28-03 240 243 1.31 13100 1.29 6.8 630 550 200 88 5 75 3.4 56.8 161 0.33
KL28-03 243 246 0.27 2700 0.35 2 99 99 460 280 7 66 18 69.5 328 0.13
KL28-03 246 249 0.28 2800 0.27 2.5 1370 256 420 680 6 22 4.2 36.1 282 0.13
KL28-03 249 252 2.42 24200 0.47 7 227 106 920 820 5 55 5.5 19.5 275 0.69
KL28-03 252 255.1 0.102 1020 0.56 2 870 273 180 340 10 53 5.9 52.0 270 0.73
KL28-03 255.1 258 0.24 2400 0.44 1.7 1500 244 310 307 7 70 2.4 84.0 299 0.45
KL28-03 258 261 0.86 8600 1.34 3 204 79 1270 117 2 66 2.4 20.0 216 0.72
KL28-03 261 264 0.95 9500 0.94 3.2 240 98 790 118 2 101 1.1 37.5 167 0.43
KL28-03 264 267 0.51 5100 0.72 1.9 91 47 890 273 4 83 2.3 78.0 188 0.23
KL28-03 267 270 2.15 21500 1.52 4.2 61 32 900 103 3 109 2.2 35.0 186 1.21
KL28-03 270 272.7 0.89 8900 1.07 3.2 146 52 1220 218 3 110 1.2 48.0 155 0.91
KL28-03 272.7 275.7 2.7 27000 2 6.5 64 46 1180 263 2 107 2 51.0 261 0.64
KL28-03 275.7 278.7 1.58 15800 1.25 3 140 43 120 274 2 146 1.9 46.0 197 0.21
KL28-03 278.7 281.8 2.62 26200 1.53 3.9 116 23 86 335 2 151 1.3 57.0 248 0.42
KL28-03 281.8 284.9 0.43 4300 0.71 1 62 21 90 393 4 140 1.5 63.0 173 0.1
KL28-03 284.9 287.9 0.088 880 0.28 0.1 27 14 38 420 2 52 0.8 22.5 178 0.01
KL28-03 287.9 291 0.072 720 0.24 0.7 206 56 29 442 3 83 0.8 30.9 205 0.01
KL28-03 291 294 0.0371 371 0.23 0.1 56 29 27 1080 3 98 0.8 32.0 139 0.01
KL28-03 294 297 0.078 780 0.45 2.6 1040 1620 33 250 6 45 2.1 44.3 219 0.01
KL28-03 297 300 0.73 7300 0.7 1.3 48 26 125 210 6 42 1.7 98.0 181 0.13
KL28-03 300 303 2.27 22700 1.42 3.6 87 39 86 182 6 88 1.2 31.5 228 0.18
KL28-03 303 306 2.2 22000 1.3 5.1 112 45 130 129 9 64 1.1 26.0 210 0.16
KL28-03 306 308.5 0.93 9300 1.52 4.6 150 54 180 189 19 35 1.6 19.5 257 0.1
KL28-03 308.5 311.5 1.59 15900 1.58 35 5440 1100 190 85 60 133 2.3 27.0 185 0.01
KL28-03 311.5 314 2 20000 1.61 46 25400 2850 190 31 43 195 3.7 27.0 160 0.01
KL28-03 314 317 2.38 23800 3.07 57 15800 1550 205 267 214 121 2.5 29.0 185 0.01
KL28-03 317 320.1 2.75 27500 1.45 17.1 2930 900 115 356 108 40 2.2 20.5 198 0.01
KL28-03 320.1 323.3 0.58 5800 2 52 36400 7900 220 229 186 21 14.3 20.0 166 0.01
KL28-03 323.3 326.4 0.41 4100 1.91 40 17600 9800 190 236 94 23 14.5 54.0 93 0.1
KL28-03 326.4 329.5 0.361 3610 0.72 20.9 21600 10600 120 78 38 22 12.2 85.0 45 0.13
KL28-03 329.5 332.6 0.11 1100 0.45 43 23900 26200 170 130 46 7 24 33.0 72 0.1
KL28-03 332.6 336 0.196 1960 0.47 66 53000 41600 260 225 78 5 42 37.5 28 0.13
KL28-03 336 338.8 0.0348 348 0.18 10.1 4800 5400 89 49 10 4 6.2 13.0 31 0.1
KL28-03 338.8 341.9 0.0227 227 0.13 7.8 4930 3900 57 24 6 3 6 6.6 26 0.01
KL28-03 341.9 345 0.0165 165 0.04 4.2 3250 2070 29 16 2 3 3 2.5 22 0.01



Appendix V - 142 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-03 345 347.5 0.0105 105 0.09 3.5 1300 2200 15 11 3 2 2 3.5 19 0.01
KL28-03 347.5 363 0.291 2910 4.02 9.5 3090 2350 120 160 14 10 20 9.3 63 0.25
KL28-03 363 366 0.207 2070 1.88 31.2 19000 16500 400 349 42 8 48 28.0 112 0.27
KL28-03 366 372 0.0275 275 0.18 4 1480 660 59 73 6 3 5 5.0 26 0.01
KL28-03 372 375 0.0075 75 0.16 1 510 350 11 11 1 2 0.5 2.1 25 0.01
KL28-03 375 384 1.35 13500 0.53 31.3 15700 2570 190 610 78 16 8 14.5 29 0.32
KL28-03 384 387 0.0295 295 0.11 6.5 2200 1690 39 54 22 5 2.9 16.2 27 0.01
KL28-03 387 390.3 0.74 7400 0.32 15.2 5400 1810 550 188 42 11 26 11.7 32 0.1
KL28-03 390.3 394.7 0.0321 321 0.05 1.9 1100 550 23 20 1 3 2.8 2.7 13 0.01
KL28-03 394.7 397.7 0.0089 89 0.11 0.6 143 69 19 4 0.01 3 1.3 0.9 17 0.01
KL28-03 397.7 399.5 0.012 120 0.12 0.8 287 150 17 7 1 1 1.8 0.9 11 0.01
KL28-03 399.5 402 0.0101 101 0.03 0.1 174 66 11 11 0.01 2 2 1.2 13 0.01
KL28-03 402 405 0.0157 157 0.3 6.7 440 1070 16 13 32 1 75 14.5 19 0.01
KL28-03 405 408 0.094 940 0.33 12.1 2120 251 240 66 5 5 36 5.7 25 0.01
KL28-03 408 411 0.0326 326 0.77 2.7 700 206 63 28 2 2 38 5.5 26 0.01
KL28-03 411 414 0.0266 266 0.41 3.1 750 276 39 24 5 3 30 3.8 21 0.01
KL28-03 414 418.5 0.095 950 0.39 13.2 2560 410 230 70 7 5 48 3.5 21 0.01
KL28-03 418.5 421.6 0.0095 95 0.04 0.7 154 50 11 13 0.01 1 1.6 1.2 12 0.01
KL28-03 421.6 424.7 0.0028 28 0.1 0.1 47 40 19 4 0.01 4 2.7 1.2 20 0.01
KL28-03 424.7 427.8 0.0089 89 0.07 0.1 136 87 15 4 1 1 1.2 1.5 14 0.01
KL28-03 427.8 430.5 0.0025 25 0.02 0.1 24 15 18 3 0.01 1 1 0.0 16 0.01
KL28-03 430.5 433 0.0016 16 0.02 0.1 27 18 15 2 0.01 1 0.6 1.2 24 0.01
KL28-04 0 3 0.0052 52 0.01 0.1 54 28 6 1 0.01 1 0.4 0.0 18 0.01
KL28-04 3 6 0.0044 44 0.01 0.5 201 102 6 1 0.01 1 1 0.9 20 0.01
KL28-04 6 9 0.0178 178 0.01 0.1 122 78 7 4 0.01 2 1.1 2.0 24 0.01
KL28-04 9 12 0.0023 23 0.03 0.1 174 192 17 1 0.01 2 1 1.7 18 0.01
KL28-04 12 15 0.002 20 0.01 0.1 39 36 5 1 0.01 3 0.4 0.7 25 0.01
KL28-04 15 18 0.0008 8 0.01 0.1 29 25 4 1 0.01 1 0.01 0.8 21 0.01
KL28-04 18 21 0.0045 45 0.01 0.1 27 32 6 1 0.01 1 0.7 4.4 21 0.01
KL28-04 21 24 0.0006 6 0.01 0.1 40 16 6 1 0.01 1 0.5 1.1 32 0.01
KL28-04 24 27 0.0012 12 0.01 0.1 50 30 8 1 0.01 1 0.5 1.2 30 0.01
KL28-04 27 30 0.0015 15 0.01 0.1 42 18 5 1 0.01 1 0.01 1.4 30 0.01
KL28-04 30 33 0.0017 17 0.01 0.1 44 23 4 1 0.01 1 0.01 1.6 25 0.01
KL28-04 33 36 0.0051 51 0.01 0.1 79 45 3 1 0.01 1 0.3 1.8 20 0.01
KL28-04 36 39 0.002 20 0.44 2.2 107 206 38 1 1 1 16.2 3.5 77 0.01
KL28-04 39 42 0.0067 67 0.39 2.6 159 251 36 1 5 1 9.2 10.7 63 0.01
KL28-04 42 48 0.08 800 0.3 47 1430 3590 250 5 150 6 14.1 68.0 57 0.01
KL28-04 48 50.5 0.0038 38 0.11 1.6 164 640 21 2 3 1 2.4 2.9 36 0.01
KL28-04 50.5 53.5 0.006 60 0.12 3.2 247 1110 21 8 5 1 3.4 1.3 67 0.01
KL28-04 53.5 56.5 0.0016 16 0.09 6.7 109 1400 9 6 9 1 3.8 4.7 54 0.01
KL28-04 56.5 63 0.004 40 0.13 2.8 111 1140 17 5 2 1 2.9 1.8 165 0.01
KL28-04 63 66 0.0022 22 0.01 0.9 153 300 18 1 1 1 2.8 0.6 31 0.01
KL28-04 66 69 0.0042 42 0.02 1.2 198 600 10 1 3 1 2.3 1.2 37 0.01
KL28-04 69 70.5 0.0013 13 0.01 0.7 88 314 4 1 0.01 2 2 0.8 30 0.01
KL28-04 70.5 73.5 0.0013 13 0.01 1.4 140 660 11 3 1 1 3.3 0.8 28 0.01
KL28-04 73.5 76.5 0.0031 31 0.01 1.3 205 610 9 8 2 1 2.8 0.6 26 0.01
KL28-04 76.5 77.7 0.0024 24 0.01 0.9 59 410 7 5 2 1 1 0.7 41 0.01
KL28-04 77.7 80.1 0.0176 176 0.01 0.7 73 143 14 4 0.01 1 2.4 0.8 14 0.01
KL28-04 80.1 82.5 0.0011 11 0.01 0.1 33 79 6 3 0.01 1 0.5 0.7 14 0.01
KL28-04 82.5 85.5 0.0012 12 0.01 0.9 102 150 12 4 0.01 1 2.1 0.6 25 0.01
KL28-04 85.5 88.5 0.0023 23 0.02 1.6 331 730 3 5 0.01 2 2.6 1.9 21 0.01
KL28-04 88.5 91.5 0.001 10 0.01 1.3 130 293 2 4 0.01 1 3 1.6 17 0.01
KL28-04 91.5 94.5 0.0023 23 0.01 2.6 580 680 3 3 0.01 1 1.7 3.3 15 0.01
KL28-04 94.5 97.3 0.002 20 0.01 3.2 500 1050 1 3 0.01 1 2.6 2.9 15 0.01
KL28-04 97.3 100.4 0.0013 13 0.01 3.6 357 780 2 2 3 1 2.6 3.1 17 0.01
KL28-04 100.4 103 0.003 30 0.03 6.6 480 1110 4 1 3 1 1.8 4.2 16 0.01
KL28-04 103 105.4 0.0094 94 0.07 16.7 890 1860 22 2 4 1 6.3 15.3 16 0.01
KL28-04 105.4 107.4 0.0046 46 0.03 10.7 330 1870 9 1 13 1 5.3 8.6 15 0.01
KL28-04 107.4 110.3 0.0024 24 0.04 8.4 63 1340 6 1 13 1 3.9 4.3 17 0.01
KL28-04 110.3 113.5 0.0015 15 0.03 3.2 46 372 5 1 4 1 2 2.2 20 0.01
KL28-04 113.5 115.8 0.0018 18 0.02 1.4 99 190 3 1 2 1 1.7 1.7 18 0.01
KL28-04 115.8 117.4 0.0025 25 0.01 0.7 33 71 2 1 0.01 1 1.5 0.8 22 0.01
KL28-04 117.4 119.5 0.0034 34 0.01 1.6 169 196 2 1 1 1 1.2 1.3 21 0.01



Appendix V - 143 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-04 119.5 122.5 0.0022 22 0.01 1.9 43 181 3 1 2 3 1.5 1.6 20 0.01
KL28-04 122.5 125.6 0.0032 32 0.01 1.2 430 730 5 40 0.01 1 2.6 2.1 23 0.01
KL28-04 125.6 128.1 0.0017 17 0.01 1.6 181 362 3 4 0.01 1 1.3 1.8 22 0.01
KL28-04 128.1 131.5 0.0016 16 0.01 0.9 241 580 0.01 3 0.01 1 0.7 1.1 19 0.01
KL28-04 131.5 134.6 0.0019 19 0.01 1.3 320 470 2 4 0.01 1 1.1 1.2 19 0.01
KL28-04 134.6 137.2 0.0012 12 0.01 1.4 110 275 0.01 7 0.01 1 0.9 1.1 17 0.01
KL28-04 137.2 139.5 0.0011 11 0.01 1.7 400 358 7 9 0.01 1 0.8 1.3 15 0.01
KL28-04 139.5 142.4 0.0012 12 0.01 1.1 247 372 3 9 0.01 1 0.7 0.7 9 0.01
KL28-04 142.4 144.9 0.0011 11 0.01 2 940 530 3 3 0.01 1 1.2 0.8 11 0.01
KL28-04 144.9 147.3 0.001 10 0.01 1 361 490 0.01 3 0.01 1 0.6 0.0 10 0.01
KL28-04 147.3 149.6 0.001 10 0.01 0.7 273 301 0.01 7 0.01 1 0.7 0.0 9 0.01
KL28-04 149.6 152 0.0015 15 0.01 2.8 1480 1860 2 5 0.01 1 1.9 1.1 10 0.01
KL28-04 152 154.5 0.002 20 0.03 6.3 2880 2910 6 3 0.01 1 4.1 2.6 9 0.01
KL28-04 154.5 156 0.0012 12 0.02 2.4 440 780 2 3 0.01 1 1.3 1.0 12 0.01
KL28-04 156 158.4 0.019 190 0.06 13.9 1430 2900 15 18 0.01 3 7.3 0.7 16 0.01
KL28-04 158.4 161.6 0.0049 49 0.09 24.3 1550 4680 20 28 1 1 4.6 5.8 11 0.01
KL28-04 161.6 163.5 0.003 30 0.04 3.7 590 1510 8 12 0.01 1 1.8 3.1 14 0.01
KL28-04 163.5 166.4 0.0014 14 0.03 2.6 460 1780 5 5 0.01 1 1.3 1.1 16 0.01
KL28-04 166.4 169.5 0.0018 18 0.03 6.6 520 1150 7 7 0.01 1 2 2.2 14 0.01
KL28-04 169.5 173 0.0048 48 0.11 17.2 6500 12500 20 5 1 1 19.3 2.4 15 0.16
KL28-04 173 175.5 0.0044 44 0.17 10.3 4600 5300 19 39 0.01 1 10.3 3.3 19 0.2
KL28-04 175.5 178.5 0.0037 37 0.12 5.5 1780 2390 17 52 0.01 1 4.1 2.3 21 0.11
KL28-04 178.5 181.5 0.006 60 0.11 6.8 2650 2960 27 47 0.01 1 3.2 6.6 18 0.2
KL28-04 181.5 184.5 0.0067 67 0.04 6.9 1300 2490 27 29 0.01 1 3.3 3.8 18 0.01
KL28-04 184.5 186 0.0028 28 0.03 3.1 630 1400 13 31 0.01 1 1.2 1.1 15 0.01
KL28-04 186 189 0.0092 92 0.07 7.8 4300 5360 15 22 0.01 1 8.1 11.5 20 0.01
KL28-04 189 192 0.0091 91 0.07 6.1 2460 3870 44 49 0.01 1 4.2 4.7 28 0.01
KL28-04 192 195 0.014 140 0.15 11.4 6600 5200 35 35 4 1 8.6 11.6 21 0.01
KL28-04 195 198 0.003 30 0.07 1.5 276 700 26 14 1 1 1.6 2.3 18 0.01
KL28-04 198 200.8 0.0035 35 0.01 2.1 1030 1790 6 5 0.01 1 3.2 0.0 13 0.01
KL28-04 200.8 203.9 0.0043 43 0.02 5.2 2620 3640 6 4 0.01 1 4.8 0.7 12 0.01
KL28-04 203.9 205.5 0.004 40 0.02 3.8 1800 3460 2 7 0.01 1 6 3.3 13 0.01
KL28-04 205.5 208.5 0.0284 284 0.14 12.9 16400 7000 39 12 22 4 8.2 16.9 24 0.01
KL28-04 208.5 211.5 0.017 170 0.08 11.3 8300 7900 28 23 10 1 12.1 10.3 18 0.01
KL28-04 211.5 214.5 0.014 140 0.08 10.9 4600 7600 31 30 14 1 7.8 9.3 17 0.01
KL28-04 214.5 217.5 0.0214 214 0.07 9.2 4190 4380 41 107 15 1 2.9 4.7 16 0.01
KL28-04 217.5 219 0.0089 89 0.04 2.5 1500 1640 20 48 8 1 2 4.2 12 0.01
KL28-04 219 220.9 0.0129 129 0.13 2.4 1230 1210 35 43 9 1 1.6 0.7 15 0.01
KL28-04 220.9 222 0.292 2920 0.98 16.4 2760 2070 1020 220 86 10 14.3 2.2 43 0.39
KL28-04 222 224.7 0.081 810 0.15 2.6 1070 1010 150 48 25 1 8.3 2.2 158 0.01
KL28-04 224.7 226.2 0.0186 186 0.04 0.7 89 48 13 399 7 1 1.6 0.0 67 0.01
KL28-04 226.2 228.8 0.103 1030 0.11 2.2 1000 189 12 1270 163 3 1.1 3.4 121 0.01
KL28-04 228.8 230.5 0.29 2900 0.21 5.6 8300 365 24 700 274 16 1.3 8.9 24 0.01
KL28-04 230.5 232.1 0.041 410 0.12 0.9 840 580 110 21 3 1 2.6 3.3 9 0.01
KL28-04 232.1 235.1 0.0381 381 1.67 1.8 1680 620 91 193 10 1 4 4.5 25 0.01
KL28-04 235.1 238.3 0.0297 297 0.06 2.4 1660 1000 25 610 12 1 0.5 6.6 44 0.01
KL28-04 238.3 240.4 0.214 2140 0.54 3.8 860 98 66 103 18 6 2.4 17.3 25 0.01
KL28-04 240.4 243 0.432 4320 0.41 9.1 1890 580 29 1970 23 12 0.4 4.6 14 0.01
KL28-04 243 246 0.62 6200 0.76 52 25200 9600 73 610 180 27 0.3 12.3 52 0.01
KL28-04 246 249 0.46 4600 0.51 16.6 12800 730 60 96 98 9 0.4 16.8 28 0.01
KL28-04 249 252 0.42 4200 0.83 8.9 34600 61 64 158 66 10 0.4 11.7 22 0.01
KL28-04 252 255 1.35 13500 4.59 11.6 12500 27 54 35 107 19 0.6 4.4 95 0.01
KL28-04 255 258 0.79 7900 1.93 4.5 138 13 32 267 26 18 0.5 7.8 45 0.01
KL28-04 258 261 0.151 1510 0.7 1.2 67 12 31 720 4 14 0.3 8.9 33 0.01
KL28-04 261 262.5 0.19 1900 1.9 1.4 101 20 48 720 5 12 1 8.4 37 0.01
KL28-04 262.5 265.2 2.52 25200 13.8 14.7 700 42 43 208 61 83 2 17.0 44 0.01
KL28-04 265.2 267 0.84 8400 2.05 4.5 480 43 10 105 4 107 1 31.6 133 0.01
KL28-04 267 270 1.71 17100 2.46 8.2 920 97 32 94 6 80 2.4 37.5 122 0.01
KL28-04 270 273 1.88 18800 2.35 11.3 500 192 24 10 7 58 2.9 27.0 28 0.01
KL28-04 273 276 2.04 20400 2.31 10.2 490 62 13 10 4 87 1.1 24.5 116 0.01
KL28-04 276 278.2 1.87 18700 1.5 4.5 180 29 12 3 3 437 0.7 31.0 165 0.01
KL28-04 278.2 280 2.13 21300 1.78 3.9 339 36 5 230 0.01 138 0.01 9.0 58 0.01
KL28-04 280 282 4.02 40200 2.73 6.1 315 29 6 271 0.01 90 0.01 9.0 50 0.01



Appendix V - 144 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-04 282 285 4.85 48500 3.85 6.8 231 23 11 655 0.01 113 0.01 7.0 57 0.01
KL28-04 285 288 3.62 36200 2.59 4.1 420 133 10 53 0.01 68 0.9 11.5 25 0.01
KL28-04 288 291 3.44 34400 2.17 2.8 202 37 3 270 0.01 83 0.01 11.0 24 0.01
KL28-04 291 294 3.36 33600 2.09 2.4 231 24 5 680 0.01 63 0.3 12.0 60 0.01
KL28-04 294 297 4.46 44600 2.14 4.3 381 34 180 1130 0.01 72 4.2 14.0 68 0.18
KL28-04 297 298.9 1.42 14200 1.11 1.8 229 11 3 810 1 56 0.01 8.5 37 0.01
KL28-04 298.9 300.8 14.45 144500 6.49 7 520 30 3 2260 0.01 139 0.01 16.2 54 0.01
KL28-04 300.8 303 3.78 37800 2.07 3.1 118 16 4 950 0.01 65 0.01 19.0 160 0.01
KL28-04 303 306 5.8 58000 2.19 9.5 209 85 190 2180 0.01 55 2.6 20.0 271 0.18
KL28-04 306 309 4.07 40700 0.65 7.5 490 100 160 980 0.01 28 2.5 14.0 157 0.29
KL28-04 309 312 3.88 38800 0.78 7.3 630 183 310 740 0.01 33 26 21.0 158 0.33
KL28-04 312 315 2.8 28000 0.34 3.5 1310 294 130 1600 0.01 25 0.5 23.0 205 0.45
KL28-04 315 318 1.63 16300 0.23 2.2 710 128 240 890 0.01 16 0.9 14.5 71 0.36
KL28-04 318 321 1.66 16600 0.22 2.1 650 207 540 600 0.01 22 5.8 13.5 65 0.51
KL28-04 321 324 1.74 17400 0.26 1.7 118 58 51 800 0.01 24 1.2 12.5 55 0.21
KL28-04 324 327 1.67 16700 0.34 1.5 75 24 30 625 0.01 33 0.2 12.0 51 0.13
KL28-04 327 329.4 1.12 11200 0.3 1 104 35 47 680 0.01 32 0.4 13.0 240 0.1
KL28-04 329.4 332.5 1.19 11900 0.26 1 126 22 51 1065 1 31 0.01 13.5 71 0.01
KL28-04 332.5 335.5 0.54 5400 0.23 1.3 68 8 2 458 0.01 18 0.01 10.3 36 0.01
KL28-04 335.5 338.6 1.13 11300 0.41 1.2 178 66 11 600 0.01 36 0.5 11.2 151 0.01
KL28-04 338.6 341.7 1.6 16000 0.49 1.6 216 67 160 500 0.01 32 0.9 15.4 65 0.1
KL28-04 341.7 344.8 1.19 11900 0.49 1.4 420 104 24 575 0.01 24 1 10.5 241 0.17
KL28-04 344.8 347.9 0.97 9700 0.55 1.1 121 59 2 324 0.01 17 0.01 9.7 77 0.01
KL28-04 347.9 351 1.17 11700 0.33 1.4 1320 660 7 367 0.01 17 0.01 12.5 57 0.22
KL28-04 351 354 1.06 10600 0.4 1.2 264 57 14 205 0.01 16 0.01 14.5 57 0.11
KL28-04 354 357 1.18 11800 0.69 1.3 130 66 30 620 0.01 12 0.3 14.0 67 0.01
KL28-04 357 360 1 10000 0.51 1.2 129 32 19 182 0.01 13 0.3 11.7 225 0.01
KL28-04 360 363 1.12 11200 0.61 1.9 570 184 60 370 0.01 19 0.2 7.3 100 0.11
KL28-04 363 366 1.44 14400 0.83 2 62 30 5 422 0.01 23 0.2 9.5 97 0.01
KL28-04 366 369 1.15 11500 0.54 1.6 89 19 3 950 1 26 0.3 9.0 55 0.01
KL28-04 369 372 1.58 15800 0.95 2.6 147 174 19 510 1 28 0.01 16.0 106 0.01
KL28-04 372 375 1.4 14000 0.98 54 85 263 21 340 3 23 0.01 14.0 54 0.01
KL28-04 375 378 2.61 26100 0.56 3.6 49 84 290 230 0.01 18 0.9 20.0 158 0.01
KL28-04 378 381 1.1 11000 0.53 1.5 209 167 29 381 0.01 31 0.2 8.4 136 0.01
KL28-04 381 384 1.35 13500 0.9 2.3 169 101 18 245 0.01 27 0.4 16.5 52 0.01
KL28-04 384 387 1.33 13300 0.5 2.2 430 710 55 500 0.01 27 0.6 15.0 114 0.01
KL28-04 387 390 1.18 11800 0.4 1.8 1190 580 340 362 1 40 0.7 8.2 125 0.24
KL28-04 390 391.8 1.87 18700 0.48 2.4 680 134 66 338 0.01 31 0.4 14.5 116 0.4
KL28-04 391.8 393.2 1.62 16200 0.39 1.9 349 183 140 59 0.01 18 0.2 9.5 123 0.15
KL28-04 393.2 396 0.62 6200 0.27 1.6 76 7 5 41 0.01 16 0.3 5.8 86 0.01
KL28-04 396 399 3.88 38800 1.05 3.5 223 57 260 1130 1 34 3.8 14.5 139 0.12
KL28-04 399 402 3.48 34800 1.61 3.9 160 44 28 1000 0.01 44 0.01 18.0 56 0.01
KL28-04 402 405 2.59 25900 0.64 2.7 176 79 45 684 1 37 0.6 9.5 218 0.01
KL28-04 405 408 2.55 25500 1.03 2.5 122 54 45 160 0.01 37 0.01 13.5 183 0.01
KL28-04 408 411 2.31 23100 0.96 2.7 750 105 49 226 0.01 40 0.5 17.5 115 0.14
KL28-04 411 414 1.92 19200 0.32 8.7 2600 1560 3200 610 0.01 18 160 7.8 108 0.65
KL28-04 414 417 1.05 10500 0.26 3.2 1680 620 1150 378 0.01 10 19.3 6.1 237 0.46
KL28-04 417 420 1.49 14900 0.81 11.3 1730 1110 3500 657 0.01 14 270 14.5 227 0.8
KL28-04 420 423 1.46 14600 0.36 2.5 265 231 1140 384 0.01 12 20 7.4 231 0.01
KL28-04 423 426 1.03 10300 0.31 3 920 307 2160 281 0.01 12 40 7.4 230 0.31
KL28-04 426 429 1.42 14200 0.44 3.1 1800 3400 1830 306 0.01 15 42 12.0 76 0.61
KL28-04 429 432 2.2 22000 0.56 2.6 840 1510 220 331 0.01 34 5.8 15.0 77 0.22
KL28-04 432 435 3.1 31000 1.57 4.6 730 480 76 1510 0.01 78 1.6 26.0 148 0.01
KL28-04 435 438 3.42 34200 2.21 8.7 700 203 24 320 1 166 1.1 35.0 176 0.01
KL28-04 438 441 5.07 50700 2.3 12.1 363 14 4 182 0.01 75 0.01 14.0 104 0.01
KL28-04 441 444 2.55 25500 1.65 7.1 6500 7300 1040 272 0.01 72 2.8 15.5 145 0.28
KL28-04 444 447 2.6 26000 2.23 9.6 2400 3100 140 180 1 136 6.6 16.5 127 0.01
KL28-04 447 450 2.74 27400 2.98 11 19400 15900 780 160 0.01 63 28 21.0 143 0.25
KL28-04 450 453 3.96 39600 1.58 11.5 1530 112 6 390 0.01 105 0.4 22.0 62 0.01
KL28-04 453 456 2.07 20700 1.1 9.6 4100 700 24 160 2 52 0.7 14.8 99 0.01
KL28-04 456 459 2.56 25600 1.69 10.2 570 16 6 9 67 38 0.5 18.0 90 0.01
KL28-04 459 462 1.86 18600 1.3 11 740 21 3 20 3 37 0.3 19.0 48 0.01
KL28-04 462 465 1.81 18100 1.31 8.6 490 30 11 11 3 38 0.01 19.0 87 0.01



Appendix V - 145 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-04 465 468 2.51 25100 2.51 10.5 570 17 27 29 3 39 0.2 20.0 76 0.01
KL28-04 468 471 2.53 25300 1.94 9.9 690 34 42 21 2 49 0.6 19.5 74 0.01
KL28-04 471 474 3.49 34900 1.95 10.2 2500 242 62 17 0.01 72 0.7 32.0 20 0.01
KL28-04 474 477 3.57 35700 2.43 13.8 1230 80 14 26 2 43 0.8 25.0 39 0.01
KL28-04 477 480 1.49 14900 1.39 5.3 415 15 24 476 2 42 1.7 20.5 69 0.01
KL28-04 480 483 1.82 18200 1.39 9.7 1380 13 19 5 6 63 0.4 16.2 33 0.01
KL28-04 483 486 2.3 23000 2.79 18.2 2500 14 30 4 6 52 0.3 18.5 17 0.01
KL28-04 486 489 1.63 16300 1.02 6.8 640 7 21 40 3 53 0.2 31.0 63 0.01
KL28-04 489 492 1.49 14900 1.06 11.1 1240 8 13 56 8 56 0.2 26.0 31 0.01
KL28-04 492 495 2.15 21500 1.58 18.1 1030 12 21 32 5 59 0.5 17.5 16 0.01
KL28-04 495 498 1.56 15600 1.55 7.9 430 14 13 57 3 50 0.01 19.5 35 0.01
KL28-04 498 501 2.34 23400 2.16 9.8 730 8 2 18 4 71 0.01 10.0 110 0.01
KL28-04 501 504 1.26 12600 0.63 3.6 161 7 5 36 3 67 0.01 20.5 128 0.01
KL28-04 504 507 1.19 11900 0.83 4 241 7 10 122 2 77 0.01 19.8 207 0.01
KL28-04 507 510 1.28 12800 0.8 3.8 227 6 6 120 0.01 34 0.01 9.5 90 0.01
KL28-04 510 513 0.38 3800 0.11 1.8 85 21 6 45 0.01 11 0.01 5.6 83 0.01
KL28-04 513 516 0.7 7000 0.45 2.3 125 6 13 162 0.01 17 3.7 6.3 61 0.01
KL28-04 516 519 1.53 15300 0.55 3.1 121 18 11 139 0.01 30 0.01 10.5 105 0.01
KL28-04 519 522 1.5 15000 0.66 3.4 124 5 3 93 0.01 24 0.01 9.2 78 0.01
KL28-04 522 525 1.96 19600 0.73 4 149 6 5 256 0.01 31 0.01 12.0 74 0.01
KL28-04 525 528 0.75 7500 0.49 2.5 154 10 1 21 0.01 21 0.01 6.8 38 0.01
KL28-04 528 531 0.52 5200 0.15 0.9 58 8 1 138 0.01 20 0.01 9.5 50 0.01
KL28-04 531 534 0.91 9100 0.82 3.2 112 8 0.01 130 0.01 18 0.01 11.1 42 0.01
KL28-04 534 537 0.83 8300 0.32 1.8 118 56 12 205 0.01 17 0.8 6.5 30 0.01
KL28-04 537 540 0.51 5100 0.16 1.2 61 12 2 28 0.01 15 0.4 8.7 23 0.01
KL28-04 540 543 0.163 1630 0.05 0.6 45 11 4 70 0.01 8 0.01 3.0 40 0.01
KL28-04 543 546 0.65 6500 0.18 3.1 93 15 2 60 0.01 9 0.2 5.0 22 0.01
KL28-04 546 549 0.53 5300 0.29 1.7 200 11 4 118 0.01 26 10.5 7.3 61 0.01
KL28-04 549 552 0.32 3200 0.11 1.5 60 15 2 27 0.01 9 0.3 6.0 53 0.01
KL28-04 552 555 0.71 7100 0.29 2 66 7 3 59 0.01 17 0.2 3.5 54 0.01
KL28-04 555 558 0.42 4200 0.12 1 58 8 1 60 0.01 12 0.01 3.3 88 0.01
KL28-04 558 561 0.32 3200 0.09 1.8 66 8 1 353 0.01 11 0.01 3.8 86 0.01
KL28-04 561 563.5 0.43 4300 0.27 1 56 7 0.01 103 0.01 12 0.01 4.5 61 0.01
KL28-04 563.5 566.6 0.44 4400 0.12 1.3 46 6 0.01 62 0.01 13 0.01 5.3 64 0.01
KL28-04 566.6 569.7 0.53 5300 0.26 1.3 61 7 0.01 136 0.01 21 0.01 6.0 69 0.01
KL28-04 569.7 572.8 0.33 3300 0.15 1.1 59 7 1 55 0.01 14 0.01 6.2 44 0.01
KL28-04 572.8 575.9 0.27 2700 0.11 1 53 7 3 56 0.01 13 0.3 8.0 45 0.01
KL28-04 575.9 579 1.53 15300 0.4 1.9 387 251 66 570 1 30 0.5 15.5 66 0.13
KL28-04 579 582 0.49 4900 0.19 1.7 61 8 0.01 106 0.01 17 0.01 6.5 36 0.01
KL28-04 582 585.5 0.59 5900 0.18 3.2 120 12 0.01 59 0.01 12 0.2 10.1 103 0.01
KL28-04 585.5 588.5 0.41 4100 0.23 1.4 116 90 0.01 35 0.01 14 0.2 6.2 48 0.01
KL28-04 588.5 591.6 0.82 8200 0.35 3.1 121 43 3 24 0.01 25 1.2 8.0 32 0.01
KL28-04 591.6 594 0.43 4300 0.1 1.2 32 7 0.01 64 0.01 11 0.01 4.8 36 0.01
KL28-04 594 597 0.48 4800 0.14 1.3 38 7 1 65 0.01 9 0.2 5.1 193 0.01
KL28-04 597 600 0.52 5200 0.15 1.5 48 9 0.01 55 0.01 15 0.3 5.7 32 0.01
KL28-04 600 603 0.91 9100 0.2 1.1 55 12 7 184 0.01 10 0.2 6.5 158 0.21
KL28-04 603 606 0.5 5000 0.13 0.6 29 9 0.01 106 0.01 8 0.2 6.3 306 0.01
KL28-04 606 609 0.83 8300 0.2 1.2 107 28 37 232 1 8 0.4 7.0 270 0.01
KL28-04 609 612 0.52 5200 0.19 1.7 73 17 42 640 0.01 9 0.4 2.5 243 0.01
KL28-04 612 615 0.37 3700 0.11 1.6 63 20 40 490 0.01 7 1.2 4.8 43 0.01
KL28-04 615 618 0.46 4600 0.08 1.7 57 7 0.01 146 0.01 6 0.01 3.5 12 0.01
KL28-04 618 621 0.436 4360 0.09 1.6 57 7 0.01 136 0.01 8 0.01 4.3 50 0.01
KL28-04 621 624 0.4 4000 0.08 1.2 71 21 0.01 316 0.01 7 0.3 3.3 74 0.01
KL28-04 624 627 0.59 5900 0.22 1.9 55 10 0.01 425 0.01 17 0.01 6.0 20 0.01
KL28-04 627 630 0.5 5000 0.18 1.3 75 32 1 181 0.01 8 0.3 5.3 25 0.01
KL28-04 630 633 0.22 2200 0.06 0.9 29 7 1 286 0.01 5 0.2 2.8 20 0.01
KL28-04 633 636 1.3 13000 0.33 2.2 54 8 2 104 0.01 31 0.2 21.0 28 0.01
KL28-04 636 639 1.27 12700 0.36 2.4 89 24 0.01 610 0.01 34 1.2 15.0 40 0.01
KL28-04 639 642 1.96 19600 0.8 4.2 121 9 3 68 0.01 39 0.7 20.0 45 0.01
KL28-04 642 645 1.58 15800 0.61 3.2 80 8 9 305 0.01 41 0.9 24.0 81 0.01
KL28-04 645 648 0.7 7000 0.35 1.7 81 9 6 32 0.01 22 0.3 11.0 62 0.01
KL28-04 648 651 1.2 12000 0.49 3.1 131 10 1 94 0.01 40 0.4 16.0 69 0.01
KL28-04 651 654 3.38 33800 1.12 6.6 404 228 640 1275 1 34 6.6 16.0 167 0.01



Appendix V - 146 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-04 654 657 1.94 19400 0.72 5.4 156 12 12 120 0.01 29 0.01 10.8 70 0.01
KL28-04 657 660 1.32 13200 0.54 3.1 170 14 2 89 0.01 26 1.2 2.5 54 0.01
KL28-04 660 663 0.59 5900 0.36 2.1 100 13 3 27 2 24 4.1 6.0 65 0.01
KL28-04 663 666 0.85 8500 0.37 2.5 102 11 3 26 1 28 0.9 8.5 33 0.01
KL28-04 666 669 0.491 4910 0.2 1 73 11 9 71 0.01 14 5.2 8.0 41 0.01
KL28-04 669 672 0.93 9300 0.48 2.7 160 10 3 43 0.01 13 0.9 8.8 34 0.01
KL28-04 672 675 0.81 8100 0.39 2.6 145 10 4 36 0.01 21 0.6 13.3 38 0.01
KL28-04 675 678 0.64 6400 0.31 1.6 130 11 4 26 0.01 25 0.3 12.5 39 0.01
KL28-04 678 681 1.15 11500 0.59 3.1 120 8 4 31 0.01 23 1.2 12.8 45 0.01
KL28-04 681 684 1.84 18400 0.6 5.1 266 9 3 38 0.01 29 0.01 14.0 38 0.01
KL28-04 684 686.8 1.2 12000 0.44 3 125 9 2 49 0.01 21 0.01 8.5 30 0.01
KL28-04 686.8 689.8 1.26 12600 0.55 3.3 110 8 4 93 0.01 15 0.2 10.5 40 0.01
KL28-04 689.8 692.9 1.99 19900 0.71 5.1 148 7 4 62 0.01 40 0.01 12.5 58 0.01
KL28-04 692.9 696 1.33 13300 0.41 3.5 114 9 2 89 0.01 20 0.01 10.0 21 0.01
KL28-04 696 699 1.06 10600 0.42 2.7 90 15 4 180 0.01 21 0.01 7.8 40 0.01
KL28-04 699 702 0.75 7500 0.36 2.2 91 10 3 68 0.01 14 0.01 6.5 19 0.01
KL28-04 702 705 0.86 8600 0.37 2.4 83 10 6 55 0.01 13 0.01 7.8 29 0.01
KL28-04 705 708 1.15 11500 0.51 2.5 82 7 2 13 0.01 14 0.01 9.3 18 0.01
KL28-04 708 711 0.82 8200 0.31 2.1 88 10 3 21 0.01 17 0.01 10.0 32 0.01
KL28-04 711 714 0.66 6600 0.41 1.7 109 12 4 69 0.01 23 0.01 6.5 38 0.01
KL28-04 714 717 0.86 8600 0.28 1.5 68 8 3 101 0.01 12 0.01 7.8 19 0.01
KL28-04 717 720 0.8 8000 0.27 1.6 71 11 0.01 31 0.01 16 0.01 10.3 21 0.01
KL28-04 720 723 1.24 12400 0.32 2.2 78 11 3 76 0.01 17 0.01 5.5 30 0.01
KL28-04 723 726 1.06 10600 0.31 2.1 80 15 1 40 0.01 14 0.01 7.8 17 0.01
KL28-04 726 729 1.18 11800 0.32 2.4 91 10 1 17 0.01 20 0.01 10.0 14 0.01
KL28-04 729 732 1.17 11700 0.32 1.9 87 9 1 11 0.01 14 0.01 5.5 21 0.01
KL28-04 732 735 1.08 10800 0.3 2.3 90 12 2 60 0.01 15 0.2 10.5 29 0.01
KL28-04 735 738 0.775 7750 0.23 1.3 62 6 0.01 63 0.01 15 0.01 9.4 21 0.01
KL28-04 738 741 0.86 8600 0.28 1.5 73 6 1 19 0.01 11 0.01 6.8 19 0.01
KL28-04 741 744 0.7 7000 0.23 1.5 104 8 3 36 0.01 16 0.01 6.8 30 0.01
KL28-04 744 747 1.07 10700 0.27 1.7 110 11 1 58 0.01 13 0.01 7.0 20 0.01
KL28-04 747 750 1.12 11200 0.3 2 114 9 2 140 0.01 17 0.01 13.0 16 0.01
KL28-04 750 753 0.97 9700 0.26 1.4 72 7 0.01 33 0.01 15 0.01 6.4 28 0.01
KL28-04 753 756 1.47 14700 0.48 1.8 116 16 0.01 31 0.01 21 0.01 13.5 29 0.01
KL28-04 756 759 1.76 17600 0.39 3.1 140 13 1 40 0.01 25 0.01 15.5 25 0.01
KL28-04 759 762 1.24 12400 0.41 2.4 121 11 1 13 0.01 16 0.01 10.5 27 0.01
KL28-04 762 765 0.228 2280 0.11 0.6 100 16 0.01 30 0.01 13 1.8 2.4 41 0.01
KL28-04 765 768 0.41 4100 0.17 1 120 10 0.01 22 0.01 16 28 4.0 19 0.01
KL28-04 768 771 1.13 11300 0.29 2 100 10 0.01 31 0.01 15 0.2 12.8 32 0.01
KL28-04 771 774 1.9 19000 0.4 4.4 134 13 2 50 0.01 22 0.5 11.0 22 0.01
KL28-04 774 777 1.17 11700 0.51 3.2 80 8 1 140 0.01 16 0.2 12.5 14 0.01
KL28-04 777 780 0.67 6700 0.2 2.1 100 11 0.01 25 0.01 9 0.2 6.3 16 0.01
KL28-04 780 781.8 1.58 15800 0.32 5.4 380 56 2 13 0.01 18 0.2 12.5 21 0.01
KL28-04 781.8 784.6 0.83 8300 0.27 2.8 101 10 1 219 0.01 14 0.01 9.3 26 0.01
KL28-04 784.6 787.2 1.01 10100 0.33 3.3 141 14 1 19 0.01 30 0.2 13.5 27 0.01
KL28-04 787.2 789 0.75 7500 0.21 2.1 244 62 2 18 0.01 36 0.01 11.8 48 0.01
KL28-04 789 792 0.74 7400 0.16 1.9 128 16 10 80 0.01 24 0.01 22.4 23 0.01
KL28-04 792 793.5 0.6 6000 0.18 1.4 86 13 3 16 0.01 31 0.01 21.3 24 0.01
KL28-04 793.5 796.3 0.83 8300 0.22 2.3 83 8 3 27 0.01 21 0.01 12.3 18 0.01
KL28-04 796.3 798 0.068 680 0.01 0.1 9 1 0.01 97 0.01 1 0.01 1.0 0 0.01
KL28-04 798 799.8 0.2 2000 0.02 0.5 29 8 1 142 0.01 1 0.01 3.2 5 0.01
KL28-04 799.8 801.6 0.72 7200 0.19 1.5 71 7 0.01 12 0.01 15 0.01 9.8 18 0.01
KL28-04 801.6 804 0.445 4450 0.14 1 51 5 0.01 13 0.01 10 0.01 7.3 18 0.01
KL28-04 804 807 0.9 9000 0.3 2.6 110 7 3 35 0.01 18 0.01 13.1 22 0.01
KL28-04 807 810 0.476 4760 0.22 1.6 171 9 7 10 0.01 30 0.01 7.5 39 0.01
KL28-04 810 813 0.69 6900 0.23 2 102 7 4 31 0.01 21 0.01 7.8 26 0.01
KL28-04 813 816 0.95 9500 0.24 2.5 132 16 2 132 0.01 21 0.01 17.0 41 0.01
KL28-04 816 819 0.65 6500 0.17 1.6 71 8 12 25 0.01 16 0.01 13.3 31 0.01
KL28-04 819 822 1.43 14300 0.31 4 112 10 7 54 0.01 14 0.4 13.5 39 0.01
KL28-04 822 825 0.317 3170 0.08 0.8 28 8 16 14 0.01 8 0.01 10.8 29 0.01
KL28-04 825 828 1.37 13700 0.29 3.6 67 11 15 41 0.01 21 0.4 17.5 41 0.01
KL28-04 828 831 1.55 15500 0.37 4.1 98 14 7 90 0.01 13 0.01 14.5 46 0.01
KL28-04 831 834 0.75 7500 0.21 2 51 10 5 71 0.01 17 0.01 13.8 45 0.01



Appendix V - 147 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-04 834 836 0.453 4530 0.13 1.8 67 10 2 26 0.01 13 0.01 13.3 50 0.01
KL28-04 836 839.1 0.194 1940 0.05 0.1 85 11 3 58 0.01 14 0.4 6.0 24 0.01
KL28-04 839.1 842.2 0.52 5200 0.15 1.2 88 70 2 37 0.01 16 0.01 9.4 22 0.01
KL28-04 842.2 845.3 1.18 11800 1.88 2.7 142 22 2 4 1 11 0.01 4.5 8 0.01
KL28-04 845.3 848.4 0.335 3350 0.12 0.8 89 9 10 16 0.01 15 2.2 11.9 14 0.01
KL28-04 848.4 851.5 1.11 11100 0.32 2.4 112 10 4 21 0.01 18 0.01 7.3 21 0.01
KL28-04 851.5 853.8 0.78 7800 0.17 1.8 75 15 4 21 0.01 14 0.2 6.3 20 0.01
KL28-04 853.8 855 0.3 3000 0.05 0.9 32 11 1 670 0.01 6 0.01 3.0 13 0.01
KL28-05 0 3 0.0123 123 0.01 0.1 63 23 6 1 0.01 1 0.3 0.5 21 0.01
KL28-05 3 6 0.0094 94 0.02 0.1 358 137 12 4 0.01 1 1 1.2 28 0.01
KL28-05 6 9 0.0083 83 0.03 0.1 520 88 13 1 0.01 1 1 0.5 28 0.01
KL28-05 9 12 0.0081 81 0.05 0.1 63 42 10 4 0.01 1 0.6 1.0 36 0.01
KL28-05 12 15 0.0154 154 0.01 0.1 44 43 8 14 0.01 1 0.5 1.0 35 0.01
KL28-05 15 18 0.0196 196 0.01 0.1 38 55 4 23 0.01 1 0.3 0.5 29 0.01
KL28-05 18 21 0.0037 37 0.01 0.1 40 41 6 1 0.01 1 0.01 1.0 27 0.01
KL28-05 21 24 0.0122 122 0.02 0.1 101 47 10 5 0.01 1 0.9 3.3 37 0.01
KL28-05 24 27 0.0035 35 0.02 0.1 62 40 12 2 0.01 1 0.4 1.0 44 0.01
KL28-05 27 30 0.0055 55 0.01 0.1 49 31 5 3 0.01 1 0.2 0.7 49 0.01
KL28-05 30 33 0.0034 34 0.01 0.1 38 19 6 3 0.01 1 0.3 0.7 53 0.01
KL28-05 33 36 0.004 40 0.01 0.1 50 38 4 1 0.01 1 0.4 1.0 33 0.01
KL28-05 36 39 0.0032 32 0.01 0.1 56 31 3 1 0.01 1 0.2 1.0 32 0.01
KL28-05 39 41 0.0043 43 0.01 0.8 328 343 14 7 1 1 1.2 2.4 22 0.01
KL28-05 41 43 0.0036 36 0.01 0.1 95 90 6 1 0.01 1 1.1 4.6 34 0.01
KL28-05 43 45 0.0034 34 0.02 1.8 170 147 8 4 2 1 2.1 0.0 39 0.01
KL28-05 45 48 0.0065 65 0.01 4.4 2270 3000 10 1 1 1 3.9 0.0 23 0.01
KL28-05 48 51 0.0034 34 0.06 1 258 363 20 2 2 7 1.7 0.0 134 0.01
KL28-05 51 52.8 0.48 4800 0.3 51 2740 5000 410 23 116 1 18.9 43.5 101 0.01
KL28-05 52.8 54.2 1.57 15700 0.48 101 5900 8600 410 26 344 7 10.2 46.7 186 0.43
KL28-05 54.2 57 0.0096 96 0.06 2.1 308 730 14 9 4 1 2.5 4.5 26 0.01
KL28-05 57 60 0.0134 134 0.03 1.5 94 97 37 4 16 1 3.1 4.1 49 0.01
KL28-05 60 63 0.0068 68 0.02 1.1 99 115 28 14 3 1 5.5 6.5 31 0.01
KL28-05 63 65.3 0.0124 124 0.02 0.1 105 137 7 23 0.01 1 2 0.8 43 0.01
KL28-05 65.3 67.2 0.0083 83 0.01 1.2 118 730 13 8 2 1 2.7 0.0 32 0.01
KL28-05 67.2 70.2 0.0138 138 0.1 2.3 258 2100 22 8 3 1 5.1 3.5 36 0.01
KL28-05 70.2 73.3 0.0152 152 0.15 1.1 147 410 18 11 0.01 1 3.5 1.1 36 0.01
KL28-05 73.3 76.3 0.0015 15 0.03 0.1 121 330 14 4 0.01 1 4.1 3.5 106 0.01
KL28-05 76.3 78 0.0095 95 0.12 0.7 133 720 19 5 1 1 7.4 1.7 36 0.01
KL28-05 78 81 0.0097 97 0.03 0.9 160 790 18 9 0.01 1 6.1 0.0 25 0.01
KL28-05 81 84 0.0026 26 0.01 1 246 680 10 14 0.01 1 2.6 1.4 10 0.01
KL28-05 84 87 0.0303 303 0.1 47 12600 3100 57 13 0.01 1 48 3.5 16 0.27
KL28-05 87 90 0.0023 23 0.01 2.3 440 370 41 4 0.01 1 5 0.0 56 0.01
KL28-05 90 93 0.0019 19 0.01 1.7 193 1040 31 5 0.01 1 4.5 0.0 18 0.01
KL28-05 93 96 0.0026 26 0.04 1.7 730 920 16 6 0.01 1 3.8 1.0 96 0.01
KL28-05 96 99 0.0021 21 0.02 3.3 380 250 3 6 2 1 1.9 1.7 28 0.01
KL28-05 99 101.8 0.0043 43 0.01 7.6 2250 2200 3 5 1 1 6 3.2 16 0.01
KL28-05 101.8 104.5 0.0037 37 0.04 5.1 900 1250 5 6 1 1 3.6 2.0 19 0.01
KL28-05 104.5 106.5 0.0028 28 0.02 2.8 560 900 2 2 0.01 1 2.2 1.2 15 0.01
KL28-05 106.5 109.5 0.003 30 0.01 2.2 400 1040 2 3 1 1 2.3 2.2 17 0.01
KL28-05 109.5 112 0.0029 29 0.01 2.1 530 1050 6 1 1 1 1.5 2.2 14 0.01
KL28-05 112 114.2 0.0035 35 0.01 2.7 610 1600 4 2 2 1 3.5 3.0 18 0.01
KL28-05 114.2 117 0.0035 35 0.01 1.5 172 870 2 5 0.01 1 4.2 1.7 21 0.01
KL28-05 117 119.9 0.0021 21 0.33 1 73 62 31 1 2 3 5.8 11.2 107 0.01
KL28-05 119.9 122.4 0.0029 29 0.01 1.8 392 1060 4 3 1 1 3 2.0 21 0.01
KL28-05 122.4 125.5 0.0061 61 0.01 4.1 400 760 7 4 3 1 1.8 0.0 15 0.01
KL28-05 125.5 128.3 0.0057 57 0.01 8.5 215 1050 10 3 8 1 1.6 2.0 24 0.01
KL28-05 128.3 130 0.118 1180 0.11 5.2 165 720 6 8 9 1 1.2 3.5 34 0.01
KL28-05 130 132.2 0.0066 66 0.01 2.6 230 520 7 1 2 1 0.8 1.7 22 0.01
KL28-05 132.2 135 0.0031 31 0.01 2.4 132 300 4 4 2 1 1.2 0.8 24 0.01
KL28-05 135 136.5 0.0013 13 0.01 3.2 65 570 2 1 3 1 1 0.0 23 0.01
KL28-05 136.5 138.5 0.0014 14 0.01 2 84 291 2 2 0.01 1 1.4 1.2 28 0.01
KL28-05 138.5 141 0.0017 17 0.03 5.8 76 580 7 12 0.01 1 2.7 2.2 30 0.01
KL28-05 141 144 0.0041 41 0.04 3.9 160 1010 6 7 0.01 1 2.8 1.2 34 0.01
KL28-05 144 147 0.004 40 0.01 1.9 260 348 2 3 0.01 1 1.1 0.7 25 0.01



Appendix V - 148 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-05 147 150 0.0026 26 0.01 3.2 137 890 3 2 0.01 1 2 1.5 30 0.01
KL28-05 150 153 0.0015 15 0.01 1.5 155 323 4 10 0.01 1 1.2 1.0 15 0.01
KL28-05 153 156 0.0169 169 0.01 2.8 280 313 5 10 0.01 1 0.9 1.0 14 0.01
KL28-05 156 158.8 0.0038 38 0.02 19.7 1650 4900 7 11 0.01 1 12 1.5 12 0.01
KL28-05 158.8 161.3 0.0162 162 0.01 1.2 338 520 5 7 0.01 1 1.1 0.7 12 0.01
KL28-05 161.3 163.5 0.0031 31 0.01 2.1 650 730 6 14 3 1 1.3 1.7 13 0.01
KL28-05 163.5 166.5 0.001 10 0.01 2 480 680 4 7 0.01 1 0.9 0.7 12 0.01
KL28-05 166.5 169.5 0.003 30 0.01 2.5 2310 2400 5 12 0.01 1 2.2 1.7 14 0.01
KL28-05 169.5 172.3 0.0102 102 0.01 2.8 810 1030 3 11 0.01 1 1.6 1.2 15 0.01
KL28-05 172.3 174.3 0.0013 13 0.01 0.9 64 205 5 1 0.01 1 0.7 0.0 13 0.01
KL28-05 174.3 177 0.001 10 0.01 0.6 124 147 10 8 0.01 1 0.5 0.7 16 0.01
KL28-05 177 180 0.0042 42 0.01 1.9 1050 1820 12 11 0.01 1 1.2 2.7 16 0.01
KL28-05 180 183 0.0316 316 0.23 28.1 8600 20200 22 168 1 1 19.5 13.0 17 0.01
KL28-05 183 184.5 0.0257 257 0.23 19.2 2700 15700 66 365 2 1 17.6 10.6 25 0.01
KL28-05 184.5 187.5 0.0105 105 0.07 3.2 1300 3000 18 95 0.01 1 3.4 3.5 16 0.01
KL28-05 187.5 190.5 0.006 60 0.07 1.9 1980 2400 8 56 0.01 1 2.8 2.7 17 0.01
KL28-05 190.5 192 0.0039 39 0.07 1.8 2000 2400 11 22 0.01 1 1.6 2.0 30 0.01
KL28-05 192 195 0.0038 38 0.05 1.6 980 1260 12 18 0.01 1 1.7 2.7 21 0.01
KL28-05 195 197.5 0.0075 75 0.02 1.7 1120 1280 7 15 0.01 1 1.9 2.8 13 0.01
KL28-05 197.5 200.6 0.0016 16 0.01 0.9 570 700 8 11 0.01 1 1.1 1.2 12 0.01
KL28-05 200.6 203.2 0.013 130 0.02 0.6 340 286 5 7 0.01 1 0.8 1.2 12 0.01
KL28-05 203.2 205.5 0.0032 32 0.01 1.9 1260 1230 5 7 0.01 1 1.4 3.5 9 0.01
KL28-05 205.5 208.5 0.0186 186 0.16 7.8 1250 4800 28 186 23 2 4.3 42.5 18 0.01
KL28-05 208.5 211.5 0.0033 33 0.07 1.8 540 1060 19 26 0.01 1 1.8 7.1 16 0.01
KL28-05 211.5 214.8 0.0091 91 0.15 8.3 9400 4900 15 15 4 1 9 9.3 10 0.39
KL28-05 214.8 217.2 0.0229 229 0.14 29.1 10100 13800 54 19 42 1 18.7 9.2 11 0.44
KL28-05 217.2 220.2 0.0024 24 0.04 0.9 317 580 8 6 0.01 1 1.1 1.0 19 0.01
KL28-05 220.2 222.2 0.0013 13 0.02 0.7 292 580 7 7 0.01 1 0.7 1.1 14 0.01
KL28-05 222.2 223.5 0.0063 63 0.03 5.6 5000 6500 7 52 5 2 6.3 4.5 12 0.01
KL28-05 223.5 226.5 0.0028 28 0.01 1.6 1260 1520 14 11 0.01 1 1.8 5.0 16 0.01
KL28-05 226.5 228 0.0067 67 0.03 4.7 5800 3700 28 18 2 2 4.5 4.7 10 0.01
KL28-05 228 231 0.0195 195 0.05 10.8 9400 7000 42 30 7 2 7.7 10.0 23 0.01
KL28-05 231 234 0.0111 111 0.06 7.5 3200 4100 35 17 8 1 3.7 7.0 11 0.01
KL28-05 234 236 0.0194 194 0.12 3.8 2350 1350 52 34 11 1 2.7 6.3 13 0.01
KL28-05 236 238.5 0.0391 391 0.23 37 20900 31800 34 29 135 18 2.9 211.0 25 0.01
KL28-05 238.5 241.5 0.0273 273 0.1 1.7 1060 1000 32 112 4 3 0.6 6.3 29 0.01
KL28-05 241.5 244.5 0.0106 106 0.04 0.9 278 212 17 1920 4 1 0.7 5.5 187 0.01
KL28-05 244.5 246.5 0.0086 86 0.02 1 153 220 12 1050 3 1 0.3 3.2 85 0.01
KL28-05 246.5 249 0.0141 141 0.03 0.6 187 110 9 900 4 1 0.3 3.0 74 0.01
KL28-05 249 252 0.0114 114 0.14 0.1 264 164 12 468 4 1 0.7 2.5 164 0.01
KL28-05 252 255 0.27 2700 1 3.8 23500 700 68 258 90 15 2.2 18.8 21 0.17
KL28-05 255 258 0.38 3800 1.27 24.6 68500 2730 57 1270 580 38 1.5 40.0 55 0.01
KL28-05 258 261 0.121 1210 5.99 6.7 4600 760 230 1580 120 4 8.6 16.3 160 1.08
KL28-05 261 264 0.163 1630 6.71 12.8 25300 2090 180 212 280 15 7.7 28.5 57 0.66
KL28-05 264 267 0.66 6600 1.52 17.8 9100 550 54 198 293 14 2 25.5 61 0.2
KL28-05 267 270 0.197 1970 0.67 2.7 49600 335 34 70 8 55 0.4 38.8 57 0.01
KL28-05 270 273 0.4 4000 2.17 6.8 15300 60 130 18 98 14 1.3 43.5 39 0.11
KL28-05 273 276 1.19 11900 3.56 15.3 7600 1970 360 470 6 74 16.8 24.0 174 1.2
KL28-05 276 279 0.67 6700 2.1 23.8 2550 2800 490 930 6 28 80 17.5 152 1.4
KL28-05 279 280.9 0.117 1170 1.3 9.8 1780 1310 170 740 8 29 37 25.5 124 0.17
KL28-05 280.9 283.4 0.99 9900 1.12 17.4 10900 1370 32 265 69 88 9 19.3 80 0.01
KL28-05 283.4 285 1.35 13500 1.06 21.6 13900 1500 22 101 90 105 1.6 21.7 69 0.01
KL28-05 285 288 0.92 9200 0.9 14.2 12100 1520 30 164 68 61 1.2 15.3 60 0.01
KL28-05 288 291 0.5 5000 1.76 11.3 25000 3500 260 102 52 104 12.8 17.5 200 0.24
KL28-05 291 294 1.67 16700 2.46 21.7 24400 6610 260 82 77 86 6.4 32.3 198 0.64
KL28-05 294 297 2.7 27000 1.72 13.7 1250 249 27 152 9 195 1.8 27.0 217 0.01
KL28-05 297 300 2.29 22900 1.34 8.7 2600 630 28 101 8 70 1.3 17.0 126 0.01
KL28-05 300 303 2.24 22400 0.88 7.7 520 89 17 485 12 68 1.1 15.5 219 0.01
KL28-05 303 306 1.52 15200 0.56 5.9 372 111 15 259 16 48 1.3 9.3 158 0.01
KL28-05 306 309 1.96 19600 0.96 5.1 610 112 11 95 8 65 0.6 14.5 57 0.01
KL28-05 309 312 1.87 18700 1.08 5.8 289 54 3 630 14 46 0.2 14.5 90 0.01
KL28-05 312 315 1.79 17900 1.92 17 9400 16000 800 189 4 37 38 11.8 81 1.16
KL28-05 315 318 3.04 30400 2.5 5.7 3100 830 14 166 3 87 1.8 19.0 91 0.01



Appendix V - 149 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-05 318 319.6 5.36 53600 3.34 4.3 750 67 4 880 1 87 0.6 8.3 72 0.01
KL28-05 319.6 321.8 7.13 71300 3.18 6.4 330 43 2 237 0.01 100 0.4 7.5 94 0.01
KL28-05 321.8 323.6 1.86 18600 1.13 4 1050 990 160 1800 1 20 2.8 17.0 188 0.32
KL28-05 323.6 325.1 2.15 21500 0.96 2.5 670 133 110 890 1 30 1.1 11.0 148 0.22
KL28-05 325.1 327 2.58 25800 1.48 2.2 82 26 1 150 0.01 26 0.01 12.5 139 0.01
KL28-05 327 330 1.67 16700 0.87 1.7 209 52 3 670 0.01 24 0.6 10.5 192 0.01
KL28-05 330 333 1.3 13000 0.81 1.8 80 41 0.01 510 0.01 11 0.01 9.0 98 0.01
KL28-05 333 336 1.43 14300 1.03 1.4 118 36 0.01 223 0.01 10 0.01 8.8 100 0.01
KL28-05 336 339 1.54 15400 0.97 1.4 52 22 1 351 0.01 11 0.01 6.3 106 0.01
KL28-05 339 342 1.54 15400 0.92 2.8 133 64 71 336 1 12 14 10.8 215 0.1
KL28-05 342 345 2.24 22400 1.61 3.8 109 30 10 234 2 6 0.2 9.6 169 0.01
KL28-05 345 348 1.52 15200 1.92 2.3 39 17 8 108 0.01 8 0.01 10.0 116 0.01
KL28-05 348 350.5 1.69 16900 1.05 2.2 50 20 3 100 0.01 13 0.4 6.5 148 0.01
KL28-05 350.5 353.5 1.26 12600 1.69 1.8 30 13 16 82 0.01 8 1.7 8.8 154 0.01
KL28-05 353.5 356.6 1.75 17500 1.57 2.7 65 25 29 50 1 11 0.01 9.9 114 0.01
KL28-05 356.6 359.6 1.79 17900 1.52 3.6 28 9 0.01 50 1 12 0.01 11.0 123 0.01
KL28-05 359.6 362.7 1.16 11600 0.84 2.3 30 9 1 98 0.01 10 0.01 7.9 181 0.01
KL28-05 362.7 365.8 1.06 10600 0.67 2.2 37 15 1 84 1 10 0.2 3.8 106 0.01
KL28-05 365.8 368.9 1.5 15000 1.32 3.6 36 14 2 59 2 12 0.2 10.1 70 0.01
KL28-05 368.9 372 0.89 8900 0.78 3.2 410 200 120 104 2 11 5.1 7.5 66 0.01
KL28-05 372 375 0.71 7100 0.69 2.1 223 37 8 96 2 11 0.6 5.8 69 0.01
KL28-05 375 378 0.86 8600 0.72 1.9 133 23 5 48 1 16 0.2 6.8 78 0.01
KL28-05 378 381 1.48 14800 1.85 3.4 71 14 4 37 3 13 0.3 10.0 79 0.01
KL28-05 381 384 1.28 12800 1.93 2.1 32 8 1 24 2 9 0.01 11.3 76 0.01
KL28-05 384 387 0.85 8500 0.63 2.3 42 9 0.01 66 3 13 0.01 5.3 82 0.01
KL28-05 387 390 0.81 8100 0.68 1.7 33 8 1 36 1 11 0.01 5.8 73 0.01
KL28-05 390 393 0.98 9800 0.67 2.3 47 8 1 38 2 12 0.01 5.3 78 0.01
KL28-05 393 395.3 1.02 10200 0.82 2.6 40 8 1 36 2 9 0.01 6.8 91 0.01
KL28-05 395.3 398.3 1.63 16300 1.32 3.5 38 12 1 29 4 8 0.01 14.0 112 0.01
KL28-05 398.3 401.4 1.88 18800 1.92 3.7 102 70 1 30 9 6 0.01 11.5 123 0.01
KL28-05 401.4 404.5 2.14 21400 2.25 5.8 45 26 1 81 15 10 1.2 14.0 106 0.01
KL28-05 404.5 407.6 3.35 33500 2.45 6.5 91 55 6 184 6 15 0.2 7.0 80 0.01
KL28-05 407.6 409.2 1.16 11600 0.34 1.7 38 17 6 156 4 3 0.3 9.0 90 0.01
KL28-05 409.2 411 0.87 8700 0.64 1.7 17 6 3 309 1 3 0.01 7.0 124 0.01
KL28-05 411 414 0.85 8500 0.62 1.8 47 12 2 71 0.01 6 0.01 7.5 118 0.01
KL28-05 414 417 0.72 7200 0.31 2.2 440 470 31 46 1 3 17 5.5 126 0.01
KL28-05 417 420 0.89 8900 0.25 1.4 143 57 22 90 2 4 5.9 9.1 129 0.01
KL28-05 420 423 1.28 12800 0.92 2.4 32 15 1 28 1 12 0.01 9.8 146 0.01
KL28-05 423 426 1.5 15000 0.52 2.1 53 24 10 29 3 3 0.3 8.6 205 0.01
KL28-05 426 429 1.23 12300 0.81 3 154 103 26 36 2 10 6.2 8.5 134 0.01
KL28-05 429 432 0.76 7600 0.08 1.1 36 23 48 33 2 2 0.7 6.4 121 0.01
KL28-05 432 435 0.53 5300 0.08 0.8 20 12 6 24 1 1 0.01 8.3 142 0.01
KL28-05 435 438 1.08 10800 0.77 1.8 17 8 0.01 52 2 6 0.01 8.5 141 0.01
KL28-05 438 441 1.16 11600 0.8 2.2 76 16 4 38 1 7 0.8 7.1 172 0.01
KL28-05 441 444 1.03 10300 0.61 1.6 22 19 1 168 1 9 0.01 6.3 174 0.01
KL28-05 444 447 1.02 10200 0.47 1.7 87 40 57 64 1 10 0.9 6.5 172 0.01
KL28-05 447 450 1.15 11500 0.48 2.6 245 81 71 46 1 11 2.4 8.3 154 0.01
KL28-05 450 453 0.95 9500 0.57 2 175 38 280 61 1 12 0.7 7.0 120 0.01
KL28-05 453 456 1.18 11800 0.86 2.1 99 33 17 26 5 4 16.9 8.5 147 0.01
KL28-05 456 459 0.71 7100 0.72 1.2 38 19 5 24 4 4 0.2 5.0 118 0.01
KL28-05 459 462 0.41 4100 0.16 0.8 54 16 17 69 1 2 0.6 4.3 136 0.01
KL28-05 462 465 0.9 9000 0.46 1 21 11 2 54 2 3 0.01 5.5 140 0.01
KL28-05 465 468 1.36 13600 1.5 2.1 25 10 7 37 2 6 8.2 8.1 196 0.01
KL28-05 468 470 1.06 10600 0.65 1.2 21 6 1 18 1 7 0.4 7.0 160 0.01
KL28-05 470 471.9 0.68 6800 0.45 0.6 26 9 6 66 0.01 4 1.3 5.0 191 0.01
KL28-05 471.9 474 0.38 3800 0.12 0.1 58 24 13 168 1 2 0.6 5.4 191 0.01
KL28-05 474 477 1 10000 0.34 1.4 122 44 11 48 1 6 0.9 6.3 178 0.01
KL28-05 477 480 1.18 11800 0.67 1.6 24 8 2 50 1 11 0.01 6.8 214 0.01
KL28-05 480 483 0.99 9900 0.53 2.3 83 10 1 36 1 11 0.01 4.8 146 0.01
KL28-05 483 486 0.76 7600 0.47 2 75 10 1 38 0.01 13 0.01 6.0 156 0.01
KL28-05 486 488 0.98 9800 0.51 2.3 66 6 0.01 48 0.01 15 0.01 6.2 193 0.01
KL28-05 488 491.1 1.3 13000 0.91 2 260 20 7 46 0.01 12 0.2 8.6 158 0.01
KL28-05 491.1 494.2 1.16 11600 0.57 2.9 108 119 180 25 0.01 15 16 9.3 96 0.01



Appendix V - 150 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-05 494.2 497.3 1.54 15400 0.81 2.6 211 48 31 31 0.01 11 0.8 8.2 109 0.01
KL28-05 497.3 500.4 1.19 11900 0.88 1.5 22 7 3 33 0.01 10 0.01 6.8 138 0.01
KL28-05 500.4 503.5 0.83 8300 0.67 1.3 120 38 33 48 0.01 8 0.4 6.7 115 0.01
KL28-05 503.5 506.6 1.09 10900 0.76 2.4 148 66 13 40 0.01 11 0.2 7.0 123 0.01
KL28-05 506.6 509.8 0.58 5800 0.32 14.1 1080 1400 260 33 0.01 11 154 8.0 95 0.1
KL28-05 509.8 512.8 0.54 5400 0.43 1.5 35 9 2 67 0.01 10 0.01 4.0 102 0.01
KL28-05 512.8 515.8 0.45 4500 0.17 1.8 550 369 11 40 0.01 8 4.5 5.3 110 0.01
KL28-05 515.8 518.9 0.402 4020 0.21 1.2 30 17 2 78 0.01 7 0.01 4.1 136 0.01
KL28-05 518.9 522 0.529 5290 0.25 2.8 860 320 37 86 0.01 8 12 4.5 130 0.01
KL28-05 522 525 0.67 6700 0.37 2 77 20 7 74 0.01 8 0.3 5.0 131 0.01
KL28-05 525 528 0.502 5020 0.25 1.4 36 15 2 85 0.01 7 0.3 5.5 147 0.01
KL28-05 528 531 0.443 4430 0.19 1.4 33 11 1 93 0.01 6 0.01 4.8 130 0.01
KL28-05 531 534 0.8 8000 0.34 14.7 4200 9800 570 193 2 5 86 12.4 181 0.41
KL28-05 534 537 0.379 3790 0.15 1.6 720 287 15 148 1 9 1.9 4.5 127 0.01
KL28-05 537 540 0.7 7000 0.34 2.3 167 100 4 72 0.01 8 0.3 6.5 135 0.01
KL28-05 540 543 0.68 6800 0.27 3.1 283 406 28 50 0.01 12 6.3 7.3 131 0.01
KL28-05 543 546 0.439 4390 0.2 1.3 47 32 4 83 0.01 6 0.7 4.2 173 0.01
KL28-05 546 549 0.506 5060 0.27 1.5 20 13 2 47 0.01 7 0.01 6.3 153 0.01
KL28-05 549 552 1.06 10600 0.56 2.5 71 32 22 60 1 15 0.3 9.3 170 0.01
KL28-05 552 555 0.72 7200 0.34 3 90 56 17 62 0.01 13 0.6 8.3 123 0.01
KL28-05 555 558 0.417 4170 0.2 1.5 133 65 18 44 0.01 7 2.2 6.3 106 0.01
KL28-05 558 561 0.46 4600 0.19 2.2 152 82 15 68 0.01 8 1.6 7.8 101 0.01
KL28-05 561 564 0.428 4280 0.22 1.4 45 26 3 98 0.01 8 0.7 6.3 123 0.01
KL28-05 564 567 0.55 5500 0.2 5.1 1350 480 190 178 1 7 54 8.5 106 0.14
KL28-05 567 570 0.74 7400 0.4 3 294 254 10 46 0.01 12 1.2 9.0 132 0.01
KL28-05 570 573 0.532 5320 0.23 1.7 48 14 3 70 0.01 11 0.4 7.4 209 0.01
KL28-05 573 576 0.508 5080 0.2 2.1 49 20 0.01 93 0.01 8 0.01 6.8 90 0.01
KL28-05 576 579 0.449 4490 0.19 1.4 41 10 1 159 0.01 7 0.2 5.9 215 0.01
KL28-05 579 582 0.64 6400 0.29 1.8 53 12 1 197 0.01 10 0.01 7.8 108 0.01
KL28-05 582 585 0.55 5500 0.2 1.9 85 50 1 149 0.01 14 0.8 6.3 180 0.01
KL28-05 585 588 0.59 5900 0.13 1.7 88 27 5 86 0.01 9 0.6 5.8 84 0.01
KL28-05 588 591 0.455 4550 0.14 1.6 124 67 3 45 0.01 6 0.2 5.5 94 0.01
KL28-05 591 594 0.7 7000 0.19 4.1 162 121 46 112 3 10 7.6 7.8 185 0.01
KL28-05 594 597 0.495 4950 0.11 6.3 76 82 81 97 7 9 11.4 7.5 200 0.01
KL28-05 597 600 0.481 4810 0.1 1.8 92 86 8 88 1 5 2.4 4.8 225 0.01
KL28-05 600 602.5 0.54 5400 0.1 2.6 198 69 25 39 0.01 6 5.3 6.3 163 0.01
KL28-05 602.5 604.5 1.08 10800 0.23 9.3 3600 1670 250 85 0.01 10 102 6.3 145 0.39
KL28-05 604.5 606.7 2.9 29000 1.33 8.9 3500 650 11 108 1 110 4.1 11.0 88 0.12
KL28-05 606.7 609 0.69 6900 0.25 1.1 112 20 1 19 1 112 0.3 14.6 42 0.01
KL28-05 609 612 0.57 5700 0.39 1.2 108 27 1 10 1 37 0.7 11.8 41 0.01
KL28-05 612 615 1.16 11600 0.72 2.5 233 25 1 6 1 50 0.3 9.0 46 0.01
KL28-05 615 617.3 1.1 11000 0.76 2.7 137 10 2 30 0.01 45 0.5 10.3 46 0.01
KL28-05 617.3 619.2 0.66 6600 0.4 1.8 139 26 2 62 0.01 24 0.3 11.3 34 0.01
KL28-05 619.2 621.3 0.69 6900 0.52 1.6 85 8 2 68 0.01 14 0.01 11.5 35 0.01
KL28-05 621.3 624 1.3 13000 1.1 3.1 94 10 0.01 8 0.01 12 0.01 7.0 28 0.01
KL28-05 624 627 0.72 7200 0.93 2.2 105 12 8 238 0.01 13 16.2 6.3 30 0.01
KL28-05 627 630 0.491 4910 0.63 1.5 97 11 20 333 0.01 16 8.7 6.8 48 0.01
KL28-05 630 633 0.72 7200 0.63 2.1 138 10 8 20 0.01 18 1 11.0 70 0.01
KL28-05 633 636 1.05 10500 0.6 2.7 127 12 3 20 0.01 19 0.4 20.0 66 0.01
KL28-05 636 639 1.46 14600 0.64 4 152 10 3 163 0.01 25 0.6 15.7 65 0.01
KL28-05 639 642 0.74 7400 0.48 2.9 129 24 1 41 0.01 26 0.2 14.8 44 0.01
KL28-05 642 645 0.8 8000 0.44 2 119 18 7 28 0.01 35 1 23.6 48 0.01
KL28-05 645 648 0.149 1490 0.04 0.8 57 27 3 35 0.01 10 0.5 4.5 32 0.01
KL28-05 648 651 0.9 9000 0.12 2 127 32 1 9 0.01 12 0.01 3.0 90 0.01
KL28-05 651 654 0.281 2810 0.1 1 79 25 3 20 0.01 15 0.2 6.3 45 0.01
KL28-05 654 657 0.267 2670 0.1 1.2 76 23 3 21 0.01 14 0.2 6.3 44 0.01
KL28-05 657 660 0.427 4270 0.09 1.5 67 25 3 120 0.01 10 0.01 8.0 28 0.01
KL28-05 660 663 0.367 3670 0.11 1.4 50 22 1 30 0.01 7 0.01 7.0 31 0.01
KL28-05 663 666 0.288 2880 0.12 1 43 16 1 35 0.01 7 0.01 6.3 27 0.01
KL28-05 666 668 0.6 6000 0.25 1.5 74 15 1 118 0.01 21 0.2 9.0 45 0.01
KL28-05 668 671 0.357 3570 0.27 1.1 78 25 4 14 0.01 15 0.3 6.5 47 0.01
KL28-05 671 674 0.476 4760 0.2 1.4 73 28 0.01 21 0.01 10 0.01 7.3 43 0.01
KL28-05 674 677.2 0.61 6100 0.33 1.7 75 19 2 29 0.01 16 0.01 10.4 35 0.01



Appendix V - 151 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-05 677.2 680.3 0.142 1420 0.1 0.7 35 9 0.01 238 0.01 6 0.01 4.0 45 0.01
KL28-05 680.3 683.4 0.242 2420 0.14 0.8 50 13 1 21 0.01 7 0.01 5.0 43 0.01
KL28-05 683.4 686.5 0.38 3800 0.35 1.1 62 23 0.01 11 0.01 7 0.01 6.5 51 0.01
KL28-05 686.5 689.6 0.421 4210 0.31 2.4 67 26 1 6 0.01 9 0.01 6.8 35 0.01
KL28-05 689.6 693 0.284 2840 0.09 1.3 41 18 1 10 0.01 6 0.2 7.0 25 0.01
KL28-05 693 696 0.204 2040 0.05 1.2 66 39 8 18 0.01 7 2.7 6.3 83 0.01
KL28-05 696 699.3 0.375 3750 0.1 1.4 56 26 0.01 21 0.01 8 0.4 8.5 78 0.01
KL28-05 699.3 701.4 0.139 1390 0.05 1 74 33 18 52 0.01 9 17.5 5.2 160 0.01
KL28-05 701.4 704.8 1.16 11600 0.46 3.3 146 14 1 81 0.01 65 0.5 10.6 35 0.01
KL28-05 704.8 707.9 0.128 1280 0.05 0.1 41 12 2 45 0.01 12 0.3 3.3 30 0.01
KL28-05 707.9 711 0.21 2100 0.05 0.9 39 20 1 80 0.01 6 0.6 4.3 41 0.01
KL28-05 711 714 0.115 1150 0.04 1.1 66 24 43 35 0.01 4 2.3 3.5 105 0.01
KL28-05 714 717 0.117 1170 0.02 2.4 325 152 110 48 0.01 2 20 2.3 163 0.01
KL28-05 717 720 0.104 1040 0.04 1.1 212 178 13 38 0.01 5 2.3 2.8 90 0.01
KL28-05 720 723 0.14 1400 0.13 1.2 590 435 24 47 0.01 7 2 7.0 50 0.01
KL28-05 723 726 0.059 590 0.03 0.1 31 12 1 660 0.01 2 0.5 3.0 23 0.01
KL28-05 726 729 0.137 1370 0.05 0.8 76 13 2 69 0.01 9 0.6 3.4 17 0.01
KL28-05 729 732 0.061 610 0.03 1.9 40 21 1 16 0.01 3 0.7 2.5 12 0.01
KL28-05 732 735 0.131 1310 0.06 0.1 25 12 0.01 19 1 5 0.4 5.5 16 0.01
KL28-05 735 738 0.4 4000 0.16 1.7 83 20 15 78 0.01 20 0.6 8.8 31 0.01
KL28-05 738 740.2 0.099 990 0.04 0.1 82 13 0.01 18 0.01 28 0.01 8.5 26 0.01
KL28-05 740.2 743 0.498 4980 0.15 1.5 128 6 1 17 0.01 34 0.01 7.0 37 0.01
KL28-05 743 746 0.256 2560 0.09 0.7 93 12 0.01 24 0.01 28 0.01 6.3 30 0.01
KL28-05 746 748 0.174 1740 0.07 0.1 84 9 0.01 20 0.01 37 0.01 6.0 37 0.01
KL28-05 748 750 0.112 1120 0.05 0.8 76 6 0.01 9 0.01 27 0.2 3.0 31 0.01
KL28-05 750 753 0.29 2900 0.07 0.1 67 14 0.01 13 0.01 45 0.01 15.4 45 0.01
KL28-05 753 756 0.101 1010 0.06 0.9 167 36 0.01 21 0.01 25 0.01 5.5 37 0.01
KL28-05 756 759 0.35 3500 0.08 1 78 11 0.01 26 0.01 40 0.01 10.5 16 0.01
KL28-05 759 762.9 0.47 4700 0.1 1.3 97 17 0.01 8 0.01 28 0.01 6.3 21 0.01
KL28-05 762.9 765 0.98 9800 0.43 2.4 144 9 0.01 18 0.01 56 0.01 25.5 22 0.01
KL28-05 765 768 0.9 9000 0.43 2.8 120 13 0.01 13 0.01 42 0.01 11.8 28 0.01
KL28-05 768 770.7 0.359 3590 0.11 1.3 97 11 1 14 0.01 41 0.01 12.4 31 0.01
KL28-05 770.7 774 0.354 3540 0.13 1.1 110 18 2 163 0.01 42 0.01 8.8 31 0.01
KL28-05 774 777 0.173 1730 0.11 0.1 90 15 4 7 0.01 19 0.2 3.3 27 0.01
KL28-05 777 780 0.329 3290 0.13 0.8 86 33 3 175 0.01 14 0.4 6.0 30 0.01
KL28-05 780 783 0.148 1480 0.05 0.1 41 11 2 92 0.01 10 0.01 3.3 27 0.01
KL28-05 783 786 0.163 1630 0.09 5.3 5010 5040 55 73 2 9 12.2 5.0 22 0.54
KL28-05 786 789 0.073 730 0.03 0.1 38 13 2 18 0.01 2 0.5 1.8 23 0.01
KL28-05 789 792 0.08 800 0.02 0.1 38 17 1 67 0.01 3 0.3 2.3 18 0.01
KL28-05 792 795 0.344 3440 0.08 1 84 12 1 29 0.01 8 0.2 3.3 30 0.01
KL28-05 795 798 0.136 1360 0.04 0.9 44 13 0.01 72 0.01 5 0.2 2.1 23 0.01
KL28-05 798 801 0.301 3010 0.24 5.5 5400 5900 48 31 2 4 8.9 6.5 37 0.32
KL28-05 801 804 0.082 820 0.02 0.1 32 11 2 15 0.01 5 0.2 3.3 17 0.01
KL28-05 804 807 0.073 730 0.03 0.1 29 17 4 26 0.01 9 0.2 3.3 14 0.01
KL28-05 807 810 0.269 2690 0.1 0.1 50 7 2 11 0.01 16 0.01 5.5 17 0.01
KL28-05 810 813 0.072 720 0.03 0.1 27 6 0.01 30 0.01 8 0.01 2.8 16 0.01
KL28-05 813 816 0.137 1370 0.03 0.6 28 12 1 56 0.01 6 0.3 2.3 18 0.01
KL28-05 816 819 0.065 650 0.05 2.1 1360 820 45 15 0.01 3 7.9 3.8 19 0.01
KL28-05 819 822 0.36 3600 0.16 0.9 76 24 2 20 0.01 19 0.01 5.3 16 0.01
KL28-05 822 825 0.83 8300 0.27 1.3 141 26 3 136 0.01 23 0.01 7.1 17 0.01
KL28-05 825 828 0.485 4850 0.16 1 78 15 1 31 0.01 20 0.01 7.8 20 0.01
KL28-05 828 831 0.59 5900 0.33 0.8 70 6 0.01 12 0.01 20 0.01 7.8 35 0.01
KL28-05 831 833.3 0.58 5800 0.39 0.7 58 14 0.01 15 0.01 15 0.01 8.0 72 0.01
KL28-05 833.3 835.8 0.61 6100 0.3 0.8 48 27 0.01 30 0.01 8 0.01 5.3 70 0.01
KL28-05 835.8 838 0.0161 161 0.01 0.1 43 58 6 3 0.01 1 0.3 0.0 35 0.01
KL28-05 838 840 0.314 3140 0.04 0.1 17 6 2 103 0.01 1 0.2 3.8 94 0.01
KL28-05 840 843 0.074 740 0.01 0.1 37 8 9 40 0.01 1 0.01 1.5 186 0.01
KL28-06 0 3 0.0039 39 0.02 0.1 25 26 10 5 0.01 3 0.4 1.2 20 0.01
KL28-06 3 6 0.0071 71 0.01 0.1 54 20 12 5 0.01 4 0.4 1.2 22 0.01
KL28-06 6 9 0.0029 29 0.01 0.1 78 37 5 3 0.01 1 0.4 0.8 23 0.01
KL28-06 9 12 0.0027 27 0.04 0.1 165 78 7 3 0.01 1 1 1.2 26 0.01
KL28-06 12 15 0.0024 24 0.07 0.1 305 113 11 4 0.01 1 1 1.8 29 0.01
KL28-06 15 18 0.0034 34 0.02 0.1 128 242 11 4 1 1 1 1.2 23 0.01



Appendix V - 152 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-06 18 21 0.0042 42 0.02 2.2 262 580 9 14 6 1 1.3 6.0 28 0.01
KL28-06 21 24 0.051 510 0.08 60 14100 22900 21 65 156 3 3.8 150.0 45 0.01
KL28-06 24 27 0.0064 64 0.09 48 890 4360 35 15 162 3 2.1 170.0 18 0.01
KL28-06 27 30 0.0029 29 0.01 2.1 400 1290 16 7 5 2 1.2 15.3 25 0.01
KL28-06 30 33 0.001 10 0.01 0.1 122 186 13 3 1 3 0.9 6.8 19 0.01
KL28-06 33 36 0.0017 17 0.03 0.1 193 124 16 5 1 1 1.3 2.3 25 0.01
KL28-06 36 39 0.0053 53 0.01 0.1 74 159 12 4 0.01 2 1.1 2.5 22 0.01
KL28-06 39 42 0.0026 26 0.01 0.1 75 116 7 3 0.01 2 0.6 1.8 28 0.01
KL28-06 42 45 0.0019 19 0.01 0.1 42 35 6 2 0.01 1 0.7 1.5 31 0.01
KL28-06 45 48 0.0016 16 0.01 0.1 54 31 1 3 0.01 2 0.4 1.3 39 0.01
KL28-06 48 51 0.0013 13 0.01 0.1 71 30 4 2 0.01 1 0.5 2.0 36 0.01
KL28-06 51 54 0.0012 12 0.01 0.1 38 28 3 2 0.01 1 0.3 1.5 23 0.01
KL28-06 54 57 0.0011 11 0.02 0.1 176 94 5 3 0.01 1 0.4 1.8 24 0.01
KL28-06 57 60 0.0062 62 0.72 3.8 970 2480 73 6 2 2 9 10.8 38 0.1
KL28-06 60 63 0.0178 178 0.35 2.7 460 340 65 4 3 3 5.6 11.8 224 0.01
KL28-06 63 66 0.0062 62 0.11 0.8 182 86 18 4 4 3 3.6 10.0 65 0.01
KL28-06 66 69 0.0096 96 0.27 1.8 386 244 25 3 8 4 7.6 10.0 133 0.01
KL28-06 69 72 0.0064 64 0.19 1.5 2010 850 19 5 3 5 2.4 8.8 85 0.01
KL28-06 72 75 0.82 8200 0.16 14.1 2800 1600 380 15 58 3 19.2 49.5 54 0.01
KL28-06 75 78 0.106 1060 0.2 122 1170 5200 110 24 1275 1 11 227.0 82 0.01
KL28-06 78 81 0.067 670 0.12 6.9 409 600 43 17 35 4 2.7 17.0 131 0.01
KL28-06 81 84 0.0362 362 0.11 4.2 184 740 19 14 12 1 3.5 4.8 47 0.01
KL28-06 84 87 0.0114 114 0.02 1.3 208 1210 12 12 2 1 1.9 1.2 52 0.01
KL28-06 87 90 0.0078 78 0.01 4.1 146 1760 10 10 8 1 2.2 1.8 62 0.01
KL28-06 90 93 0.0028 28 0.06 2 113 359 15 5 3 6 3.7 1.2 44 0.01
KL28-06 93 96 0.012 120 0.16 3.5 480 2100 46 10 7 1 5.8 5.0 176 0.01
KL28-06 96 99 0.0048 48 0.03 1.8 195 730 10 9 3 1 3 4.3 66 0.01
KL28-06 99 102 0.003 30 0.06 4 480 920 19 7 9 1 4 1.0 117 0.01
KL28-06 102 105 0.011 110 0.07 2.7 105 590 15 11 5 1 4.7 1.2 46 0.01
KL28-06 105 108 0.0189 189 0.12 2.9 168 510 21 8 5 1 6.9 1.8 60 0.01
KL28-06 108 111 0.015 150 0.02 4.5 800 1480 10 10 11 1 2.5 9.8 25 0.01
KL28-06 111 114 0.0104 104 0.05 2 70 400 11 17 5 1 2.2 2.3 57 0.01
KL28-06 114 117 0.0034 34 0.01 1.3 76 352 16 16 3 1 2.1 1.0 66 0.01
KL28-06 117 120 0.0024 24 0.01 0.8 226 215 24 5 0.01 1 2 2.5 17 0.01
KL28-06 120 123 0.0026 26 0.01 1.1 89 340 20 9 0.01 1 1.6 1.0 12 0.01
KL28-06 123 126 0.051 510 0.18 14.9 2900 15300 23 70 4 3 9.4 18.5 18 0.01
KL28-06 126 129.5 0.024 240 0.08 17.5 4900 13900 47 45 18 3 10 24.8 25 0.01
KL28-06 129.5 132 0.0074 74 0.02 6.9 1530 3450 10 10 5 2 3.8 4.8 20 0.01
KL28-06 132 135 0.0053 53 0.06 5.3 1080 2100 23 11 5 3 4.1 6.3 12 0.01
KL28-06 135 138 0.0066 66 0.02 3.7 1390 2100 9 26 1 3 3.6 4.0 18 0.01
KL28-06 138 140.8 0.0096 96 0.04 7.6 1640 5800 14 55 1 2 6.7 6.8 28 0.01
KL28-06 140.8 144.6 0.0039 39 0.01 8.6 970 3270 8 7 8 1 3.4 8.5 18 0.01
KL28-06 144.6 147.4 0.002 20 0.01 4.9 305 660 6 24 1 2 1.4 1.8 17 0.01
KL28-06 147.4 149.9 0.0317 317 0.09 28 8400 17200 23 19 5 1 14.4 10.5 23 0.01
KL28-06 149.9 152.8 0.0036 36 0.05 18.6 4240 7100 7 8 0.01 1 10.8 4.0 17 0.01
KL28-06 152.8 155.1 0.002 20 0.03 3.5 530 1110 8 7 0.01 1 1.5 2.3 18 0.01
KL28-06 155.1 157.5 0.0037 37 0.03 4.5 1690 2370 8 13 0.01 1 2.9 2.8 17 0.01
KL28-06 157.5 160.5 0.0029 29 0.04 4.4 1020 1630 8 6 1 2 1.7 3.3 27 0.01
KL28-06 160.5 163.5 0.0035 35 0.03 4.9 910 1250 7 7 0.01 1 2.6 3.8 29 0.01
KL28-06 163.5 166.5 0.0021 21 0.06 3.3 650 1030 6 12 0.01 2 1.4 4.3 24 0.01
KL28-06 166.5 169.5 0.0018 18 0.02 1.8 223 590 3 7 0.01 1 0.7 1.5 21 0.01
KL28-06 169.5 171 0.0017 17 0.01 2.3 490 1030 2 8 0.01 1 1 2.0 23 0.01
KL28-06 171 173.2 0.0032 32 0.03 3.9 590 1180 6 42 0.01 1 1.7 2.0 26 0.01
KL28-06 173.2 175.3 0.0027 27 0.02 2.5 470 1450 7 34 0.01 2 1.5 2.8 24 0.01
KL28-06 175.3 178.5 0.0062 62 0.02 4.5 2120 1990 11 25 0.01 1 2.7 1.0 35 0.01
KL28-06 178.5 181.5 0.0039 39 0.02 4 2540 1850 5 10 0.01 1 1.8 2.0 22 0.01
KL28-06 181.5 183.5 0.0014 14 0.01 1.5 630 630 2 9 0.01 1 0.9 1.2 15 0.01
KL28-06 183.5 185.9 0.0012 12 0.01 3.3 470 500 7 10 0.01 1 1.7 3.0 16 0.01
KL28-06 185.9 187.5 0.0042 42 0.01 5.6 1750 1320 5 4 0.01 1 3.5 3.8 10 0.01
KL28-06 187.5 190.5 0.0075 75 0.03 3.8 770 1780 10 18 3 1 2.3 12.3 10 0.01
KL28-06 190.5 193.5 0.0268 268 0.01 6.8 6740 3460 8 6 0.01 1 9.2 4.0 8 0.01
KL28-06 193.5 196.5 0.0038 38 0.01 3.8 590 770 7 14 0.01 2 1 3.5 13 0.01
KL28-06 196.5 199.3 0.0039 39 0.01 2.4 660 950 4 12 1 1 1.3 4.0 14 0.01



Appendix V - 153 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-06 199.3 201.5 0.0054 54 0.01 4.6 1530 1760 6 7 1 1 2.2 8.2 10 0.01
KL28-06 201.5 204 0.0016 16 0.01 1.3 62 880 2 2 0.01 1 0.8 2.0 12 0.01
KL28-06 204 207 0.0029 29 0.01 2.8 1900 1680 6 4 0.01 1 2.2 5.0 8 0.01
KL28-06 207 210 0.0062 62 0.02 1.4 1140 800 3 6 0.01 3 1.1 3.5 12 0.01
KL28-06 210 211.5 0.0069 69 0.03 3 1510 2000 15 31 1 4 1.8 9.5 14 0.01
KL28-06 211.5 213.8 0.0058 58 0.02 3.8 3270 2680 11 14 2 1 2.3 7.5 10 0.1
KL28-06 213.8 216.5 0.0218 218 0.05 28 35400 32900 23 6 12 2 30 19.5 11 0.42
KL28-06 216.5 218.8 0.005 50 0.02 4.4 4000 4770 7 6 5 1 2.3 5.5 8 0.01
KL28-06 218.8 221.8 0.0025 25 0.03 1.8 1040 1430 2 52 4 1 0.01 2.8 8 0.01
KL28-06 221.8 225.7 0.0023 23 0.03 1.5 690 1320 3 35 4 1 0.4 2.5 14 0.01
KL28-06 225.7 228 0.0017 17 0.02 0.6 750 590 3 6 1 1 0.5 2.2 10 0.01
KL28-06 228 230.8 0.06 600 0.29 57 105000 66900 37 43 32 1 74 40.0 12 1.24
KL28-06 230.8 232.2 0.0038 38 0.04 5.8 3060 3780 10 20 9 1 2.5 4.8 10 0.14
KL28-06 232.2 234.7 0.0055 55 0.05 3.5 6760 4920 15 8 5 1 8.7 6.2 19 0.11
KL28-06 234.7 236.2 0.0129 129 0.05 1.2 1650 480 24 6 3 1 4.7 6.5 15 0.01
KL28-06 236.2 239.2 0.048 480 0.16 10.9 8700 4900 120 7 39 1 11.1 8.5 18 0.38
KL28-06 239.2 241.3 0.041 410 0.19 7.6 3000 1600 120 4 30 1 7 6.3 20 0.18
KL28-06 241.3 244.5 0.0115 115 0.11 4.3 1310 820 20 2 30 1 2.5 6.2 19 0.01
KL28-06 244.5 247.5 0.066 660 0.17 2 1730 201 22 9 14 1 0.8 6.0 17 0.1
KL28-06 247.5 250.5 0.057 570 0.17 7.7 2940 1460 23 6 25 1 1.8 11.5 20 0.01
KL28-06 250.5 253.5 0.017 170 0.14 9.6 5070 3770 18 20 18 1 4.4 17.8 21 0.11
KL28-06 253.5 256.5 0.0099 99 0.13 4.1 2440 1700 22 15 5 1 4.8 6.8 11 0.01
KL28-06 256.5 259.5 0.0094 94 0.04 3.1 1640 1120 19 26 4 1 2.6 5.8 16 0.01
KL28-06 259.5 262.5 0.0347 347 0.12 4.2 6700 1900 35 6 19 6 3.2 15.0 14 0.01
KL28-06 262.5 264 0.0189 189 0.05 3.1 1470 2770 8 36 13 1 1.7 14.4 14 0.01
KL28-06 264 267 0.185 1850 0.24 2.5 2900 590 15 7 6 12 1.2 7.3 14 0.01
KL28-06 267 270 0.36 3600 0.49 1.6 20700 134 22 33 2 64 2.1 13.3 22 0.01
KL28-06 270 273 0.127 1270 0.19 0.9 1650 168 9 14 1 23 1.9 6.8 32 0.01
KL28-06 273 274.5 0.181 1810 0.2 0.1 710 83 1 6 0.01 21 1.3 5.5 20 0.01
KL28-06 274.5 277.5 0.58 5800 1.09 22.6 47300 23000 46 241 12 30 21 13.7 65 0.16
KL28-06 277.5 280.5 0.135 1350 0.29 1.1 1420 114 19 2930 3 9 0.8 12.3 74 0.01
KL28-06 280.5 283.5 0.085 850 0.2 0.9 324 170 5 1080 2 6 0.4 5.8 75 0.01
KL28-06 283.5 286.5 0.392 3920 0.36 2.2 383 112 9 1360 3 28 0.5 12.5 47 0.01
KL28-06 286.5 289.5 0.27 2700 0.44 2.2 1460 277 29 100 4 17 1.9 17.3 62 0.01
KL28-06 289.5 292.5 0.145 1450 0.19 1.5 1090 69 8 670 7 16 0.7 14.3 75 0.01
KL28-06 292.5 294 0.55 5500 1.02 6.2 16200 124 22 1700 17 45 0.8 20.5 51 0.01
KL28-06 294 297 0.078 780 0.44 2 3310 970 28 1950 6 11 2.7 17.8 42 0.01
KL28-06 297 300 1.36 13600 2.24 14.8 3500 340 29 505 5 85 1.6 28.5 44 0.01
KL28-06 300 303 0.118 1180 0.42 1.4 290 81 9 2650 3 12 0.5 9.4 34 0.01
KL28-06 303 306 0.56 5600 0.85 3.6 2140 262 16 810 3 47 0.3 19.0 107 0.01
KL28-06 306 308.7 1.07 10700 1.65 5.1 890 157 8 500 4 65 0.3 17.2 127 0.01
KL28-06 308.7 310.5 1.45 14500 0.57 5.1 1270 620 10 60 0.01 13 1 10.0 44 0.1
KL28-06 310.5 312 2.53 25300 4.78 10.6 570 53 9 164 1 90 1.1 14.5 143 0.01
KL28-06 312 315 0.189 1890 0.15 1 420 51 7 100 2 34 0.6 23.3 103 0.01
KL28-06 315 318 0.355 3550 0.52 1.7 293 87 7 311 1 35 0.3 14.5 69 0.01
KL28-06 318 321 0.66 6600 0.64 4.7 17600 53 12 710 6 106 0.3 20.8 34 0.15
KL28-06 321 324 1.02 10200 2.4 10.5 23400 24 19 184 3 54 0.9 29.0 39 0.01
KL28-06 324 327 0.32 3200 0.57 2.9 46000 44 7 9 4 45 1.2 28.0 42 0.01
KL28-06 327 330 0.166 1660 0.35 0.9 2190 20 4 10 1 36 0.3 4.0 48 0.01
KL28-06 330 333 0.57 5700 4.52 7.4 1330 26 3 36 2 58 0.3 11.3 38 0.01
KL28-06 333 336 0.7 7000 1.5 3 384 17 8 5 1 54 0.01 14.5 29 0.01
KL28-06 336 339 1.74 17400 1.08 9.7 1370 24 7 40 4 141 0.2 20.5 25 0.01
KL28-06 339 342 1.33 13300 0.88 4 580 19 2 126 4 175 0.5 30.0 34 0.01
KL28-06 342 345 3.45 34500 3.24 10 1060 30 3 27 5 250 1.1 34.0 42 0.01
KL28-06 345 347.7 0.79 7900 0.63 2.9 470 410 3 20 2 65 1.1 12.3 24 0.01
KL28-06 347.7 349.1 6.37 63700 3.39 182 1410 1900 17 90 2 75 6.4 12.5 33 0.14
KL28-06 349.1 351.4 9.04 90400 3.27 21.8 760 249 2 4 3 60 0.4 8.8 28 0.01
KL28-06 351.4 354 5.3 53000 3.43 7.6 178 17 0.01 3 2 40 0.2 26.0 28 0.01
KL28-06 354 357 3.45 34500 1.72 6 143 18 0.01 5 7 38 0.2 23.0 25 0.01
KL28-06 357 360 2.76 27600 1.21 5.4 138 13 0.01 10 2 48 0.2 25.0 17 0.01
KL28-06 360 362.5 1.72 17200 0.72 3.1 172 13 10 120 0.01 23 0.01 15.0 41 0.01
KL28-06 362.5 365.4 0.75 7500 0.43 0.9 54 14 0.01 321 1 8 0.2 5.8 58 0.01
KL28-06 365.4 367.6 0.331 3310 0.15 1 71 8 2 23 0.01 5 0.01 3.3 72 0.01



Appendix V - 154 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-06 367.6 369 3.05 30500 1.23 4.5 1840 670 19 70 1 20 0.7 8.0 57 0.01
KL28-06 369 372 1 10000 1.15 4.8 1420 430 47 50 0.01 9 2.1 7.5 75 0.01
KL28-06 372 375 1.49 14900 0.63 2.1 78 24 1 290 0.01 16 0.01 8.5 84 0.01
KL28-06 375 378 1.08 10800 0.62 2 52 21 2 173 0.01 11 0.01 6.5 78 0.01
KL28-06 378 381 1.19 11900 0.57 2.2 60 15 1 504 1 18 0.01 7.5 73 0.01
KL28-06 381 384 1.44 14400 0.7 2.5 38 13 1 186 0.01 10 0.01 7.5 62 0.01
KL28-06 384 387 1.16 11600 0.9 2 49 10 1 265 1 11 0.01 7.5 83 0.01
KL28-06 387 390 0.98 9800 0.48 1.8 67 9 1 107 0.01 14 0.01 5.5 79 0.01
KL28-06 390 393 0.95 9500 0.43 1.3 50 5 1 51 0.01 12 0.01 6.0 70 0.01
KL28-06 393 396 1.05 10500 1.15 5.8 2400 550 21 23 7 8 0.2 10.8 47 0.01
KL28-06 396 399 1.28 12800 0.75 2.4 103 33 3 20 1 12 0.01 7.3 75 0.01
KL28-06 399 402 1.43 14300 0.9 2 54 14 9 180 1 11 0.4 9.5 68 0.01
KL28-06 402 405 0.93 9300 0.53 1.8 53 16 2 58 0.01 9 0.2 6.5 75 0.01
KL28-06 405 408 0.82 8200 0.71 2.4 104 30 1 137 0.01 18 0.3 9.3 87 0.01
KL28-06 408 411 0.98 9800 0.59 2.3 51 9 1 100 2 12 0.01 5.8 75 0.01
KL28-06 411 414 0.94 9400 0.43 2.1 71 6 1 141 0.01 14 0.01 4.8 68 0.01
KL28-06 414 417 1.08 10800 0.72 2.5 72 11 1 170 1 17 0.01 5.0 70 0.01
KL28-06 417 420 1.39 13900 1.02 3.3 53 9 1 73 1 15 0.01 9.0 71 0.01
KL28-06 420 423 1.81 18100 1.49 3.4 49 9 1 173 1 14 0.01 8.0 60 0.01
KL28-06 423 426 1.07 10700 0.37 6.3 84 182 17 59 7 17 1.1 6.5 56 0.01
KL28-06 426 429 1.32 13200 0.3 5.9 71 62 8 119 7 14 1.4 10.0 36 0.01
KL28-06 429 432 0.61 6100 0.22 1.9 53 11 2 65 2 10 0.01 5.5 52 0.01
KL28-06 432 435 0.338 3380 0.16 0.9 44 10 2 27 0.01 7 0.01 3.5 53 0.01
KL28-06 435 438 0.321 3210 0.14 0.8 104 12 1 27 0.01 6 0.01 3.0 62 0.01
KL28-06 438 441 0.313 3130 0.18 1.1 95 27 7 27 0.01 6 0.3 3.0 69 0.01
KL28-06 441 443.3 0.74 7400 0.21 5.8 72 45 10 72 2 5 1 4.0 46 0.01
KL28-06 443.3 445.6 0.72 7200 0.32 1.9 74 13 6 34 0.01 12 0.01 7.6 85 0.01
KL28-06 445.6 447 0.58 5800 0.32 1.7 73 12 6 91 1 12 0.01 4.2 81 0.01
KL28-06 447 450 0.7 7000 0.34 1.2 65 11 2 14 0.01 13 0.01 6.2 56 0.01
KL28-06 450 453 0.265 2650 0.24 1.4 43 22 0.01 18 0.01 8 0.01 4.0 87 0.01
KL28-06 453 456 0.34 3400 0.17 1.7 398 167 8 71 2 6 0.7 3.5 83 0.01
KL28-06 456 459 0.64 6400 0.25 2.3 470 225 11 36 1 6 4.8 7.5 202 0.01
KL28-06 459 462 0.59 5900 0.19 2.2 181 85 8 100 1 6 2.3 5.0 117 0.01
KL28-06 462 465 0.565 5650 0.1 3.2 219 127 16 26 10 6 3 5.8 161 0.01
KL28-06 465 468 0.66 6600 0.16 4.2 87 59 10 10 10 3 4.2 3.5 151 0.01
KL28-06 468 471 0.5 5000 0.21 2 240 108 13 16 3 4 2.1 4.2 202 0.01
KL28-06 471 474 0.49 4900 0.51 0.7 38 11 2 17 0.01 5 0.01 4.5 170 0.01
KL28-06 474 477 0.71 7100 0.46 1.6 140 38 460 25 1 6 2.2 5.2 170 0.01
KL28-06 477 480 0.67 6700 0.36 3.6 70 47 42 17 3 6 6.5 5.7 156 0.01
KL28-06 480 483 0.51 5100 0.52 2.8 90 15 830 13 5 6 3.9 6.2 160 0.01
KL28-06 483 486 0.83 8300 0.22 5.2 35 17 540 50 5 8 1.7 9.1 161 0.01
KL28-06 486 489 0.32 3200 0.1 0.1 304 88 20 27 0.01 2 0.8 4.5 50 0.01
KL28-06 489 492 0.57 5700 0.16 1.2 40 14 8 24 1 3 0.01 5.5 51 0.01
KL28-06 492 495 0.56 5600 0.31 1.1 43 18 8 22 0.01 4 0.01 5.7 281 0.01
KL28-06 495 498 0.35 3500 0.2 0.7 45 18 6 8 0.01 3 0.2 4.5 250 0.01
KL28-06 498 501 0.31 3100 0.06 0.1 65 40 13 46 0.01 5 0.9 2.8 267 0.01
KL28-06 501 504 0.27 2700 0.05 0.8 450 87 7 26 0.01 5 0.7 4.5 201 0.01
KL28-06 504 507 0.27 2700 0.05 0.7 283 60 4 57 1 4 0.01 4.7 154 0.01
KL28-06 507 510 0.62 6200 0.14 1.5 121 50 4 20 2 5 0.01 5.0 254 0.01
KL28-06 510 513 0.474 4740 0.12 1.6 133 69 4 51 0.01 6 0.5 5.1 175 0.01
KL28-06 513 516 0.377 3770 0.1 1.5 88 50 3 25 0.01 3 1.1 5.0 141 0.01
KL28-06 516 519 0.408 4080 0.19 1 110 46 3 34 1 4 0.01 4.7 211 0.01
KL28-06 519 522 0.65 6500 0.55 1.6 41 16 4 27 1 5 0.01 4.9 260 0.01
KL28-06 522 525 0.68 6800 0.32 1.3 50 21 5 30 0.01 3 0.3 5.3 180 0.01
KL28-06 525 528 0.492 4920 0.16 2.2 123 90 10 24 6 2 1.4 11.6 157 0.01
KL28-06 528 531 0.51 5100 0.14 2 43 28 11 28 2 3 1.3 4.0 217 0.01
KL28-06 531 534 0.94 9400 0.3 2.8 108 51 6 32 7 6 1.5 10.3 96 0.01
KL28-06 534 537 0.84 8400 0.32 2.8 61 25 4 32 3 8 0.4 6.5 274 0.01
KL28-06 537 540 0.442 4420 0.25 1.4 57 16 2 60 0.01 7 0.2 6.0 212 0.01
KL28-06 540 543 0.5 5000 0.4 1.4 188 47 1 102 1 4 0.2 4.3 160 0.01
KL28-06 543 546 0.71 7100 0.56 2 105 35 2 62 2 9 0.2 4.7 191 0.01
KL28-06 546 549 0.9 9000 0.65 1.8 54 16 2 57 1 10 0.3 5.0 167 0.01
KL28-06 549 552 0.68 6800 0.54 2 246 212 1 48 1 6 0.01 4.8 271 0.01



Appendix V - 155 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-06 552 555 0.44 4400 0.26 1.6 51 16 1 21 1 4 0.01 4.5 164 0.01
KL28-06 555 558 0.57 5700 0.23 2.6 20 46 8 30 4 10 1.7 14.9 222 0.01
KL28-06 558 561 0.53 5300 0.12 2.1 217 46 5 20 2 6 1.2 6.5 156 0.01
KL28-06 561 564 0.57 5700 0.09 2.3 81 40 5 30 3 4 0.01 4.8 186 0.01
KL28-06 564 567 0.053 530 0.07 0.1 36 26 12 28 2 5 2.5 9.1 95 0.01
KL28-06 567 570 0.393 3930 0.13 1.2 60 31 5 28 2 7 0.9 6.7 100 0.01
KL28-06 570 573 0.387 3870 0.22 1.6 32 39 26 42 3 5 6.2 9.0 123 0.01
KL28-06 573 576 0.29 2900 0.12 1.1 65 35 9 18 3 8 2.8 11.6 91 0.01
KL28-06 576 579 0.411 4110 0.1 1.9 151 60 4 8 2 7 0.9 6.1 122 0.01
KL28-06 579 582 0.57 5700 0.11 2.1 112 64 3 17 2 5 2.3 5.8 141 0.01
KL28-06 582 585 0.448 4480 0.13 1.6 166 70 2 14 1 3 0.4 6.0 101 0.01
KL28-06 585 588 0.35 3500 0.16 1.3 352 116 0.01 12 1 4 0.2 5.8 163 0.01
KL28-06 588 591 0.47 4700 0.17 2 1150 750 22 13 0.01 6 0.3 5.6 150 0.01
KL28-06 591 594 0.57 5700 0.17 1.6 342 168 4 24 1 10 0.8 6.5 110 0.01
KL28-06 594 596.8 0.62 6200 0.24 2.1 1060 138 3 10 0.01 11 0.2 6.5 110 0.01
KL28-06 596.8 599.4 0.65 6500 0.16 2.1 880 239 2 9 1 7 0.2 4.1 155 0.01
KL28-06 599.4 602.5 0.23 2300 0.06 1.8 2110 368 9 25 1 5 0.4 4.3 105 0.01
KL28-06 602.5 605.6 0.28 2800 0.07 1.8 1640 440 14 19 2 7 0.5 3.5 120 0.01
KL28-06 605.6 608.7 0.419 4190 0.11 2.7 930 190 10 12 5 4 0.7 6.0 101 0.01
KL28-06 608.7 611.8 0.509 5090 0.27 3.2 800 710 13 12 4 7 0.5 7.0 152 0.01
KL28-06 611.8 613.3 0.23 2300 0.07 1.3 284 65 12 12 2 5 0.2 3.5 159 0.01
KL28-06 613.3 615 0.235 2350 0.04 1.5 232 80 2 13 2 5 0.2 3.9 140 0.01
KL28-06 615 618 0.25 2500 0.05 1.5 283 74 3 13 2 5 0.3 2.3 115 0.01
KL28-06 618 621 0.48 4800 0.07 2 630 143 5 19 3 7 0.3 4.8 110 0.01
KL28-06 621 624 0.95 9500 0.17 2.7 880 165 4 16 4 7 0.2 4.2 156 0.01
KL28-06 624 627 0.53 5300 0.14 2.8 4940 2440 440 28 3 10 7.6 8.5 98 0.01
KL28-06 627 630 0.61 6100 0.22 2 257 59 7 14 1 9 0.2 6.7 131 0.01
KL28-06 630 633 0.34 3400 0.1 1.9 410 173 0.01 11 1 6 0.2 3.3 85 0.01
KL28-06 633 636 0.33 3300 0.11 1.8 267 180 5 10 2 9 0.2 6.7 77 0.01
KL28-07 0 3 0.005 50 0.05 0.1 138 62 20 2 0.01 1 2.7 1.9 31 0.01
KL28-07 3 6 0.0024 24 0.03 0.1 41 23 9 3 0.01 2 0.6 3.5 27 0.01
KL28-07 6 9 0.0027 27 0.04 0.8 108 95 26 4 2 3 0.9 3.3 35 0.1
KL28-07 9 12 0.002 20 0.02 0.1 59 77 4 1 0.01 1 0.4 0.6 18 0.01
KL28-07 12 15 0.0035 35 0.06 0.7 196 178 8 1 0.01 1 0.9 1.3 25 0.01
KL28-07 15 18 0.0024 24 0.05 0.6 280 355 15 4 2 1 3.3 2.0 22 0.01
KL28-07 18 20.9 0.0009 9 0.02 0.9 258 670 8 1 1 1 0.9 1.6 19 0.01
KL28-07 20.9 24 0.0034 34 0.03 1.3 254 580 11 2 2 1 1.2 2.5 21 0.01
KL28-07 24 27 0.0022 22 0.1 2.3 230 335 14 10 6 1 5.2 15.8 43 0.01
KL28-07 27 30 0.0026 26 0.07 1.8 347 600 22 15 5 1 1.5 11.0 28 0.01
KL28-07 30 33 0.0063 63 0.03 9.6 2900 3140 43 16 47 1 1.1 107.5 47 0.01
KL28-07 33 36 0.0197 197 0.08 55 28300 5300 53 28 320 1 2.1 220.0 53 0.01
KL28-07 36 39 0.0017 17 0.05 2 770 710 27 1 5 2 1.7 9.4 18 0.01
KL28-07 39 42 0.0013 13 0.02 0.1 220 480 15 1 0.01 3 1 3.0 17 0.01
KL28-07 42 45 0.002 20 0.06 0.1 215 309 24 1 2 1 1.2 6.3 21 0.01
KL28-07 45 48 0.0011 11 0.04 0.1 209 93 20 1 0.01 1 0.8 2.0 28 0.01
KL28-07 48 51 0.0017 17 0.01 0.1 190 83 12 1 1 1 0.6 2.5 32 0.01
KL28-07 51 54 0.0011 11 0.01 0.1 149 110 12 1 0.01 1 0.6 1.3 37 0.01
KL28-07 54 57 0.0005 5 0.01 0.1 69 35 5 1 0.01 1 0.4 1.0 29 0.01
KL28-07 57 60 0.0006 6 0.03 0.1 98 69 7 1 0.01 1 0.4 2.0 26 0.01
KL28-07 60 63 0.0009 9 0.01 0.1 89 28 4 1 0.01 1 0.4 1.3 36 0.01
KL28-07 63 66 0.001 10 0.01 0.1 184 90 3 1 0.01 1 0.3 1.8 25 0.01
KL28-07 66 69 0.001 10 0.01 0.1 68 64 4 1 0.01 1 0.2 1.3 26 0.01
KL28-07 69 72 0.0012 12 0.01 0.1 46 36 2 1 0.01 1 0.01 5.0 26 0.01
KL28-07 72 75 0.0012 12 0.01 0.1 68 51 3 1 1 1 0.3 1.6 25 0.01
KL28-07 75 78 0.0017 17 0.01 0.1 70 88 4 1 0.01 1 0.2 1.0 26 0.01
KL28-07 78 81 0.0105 105 0.01 0.9 205 87 11 1 3 1 1.2 3.8 42 0.01
KL28-07 81 84 0.0024 24 0.01 0.6 93 40 4 3 3 1 1.1 5.0 71 0.01
KL28-07 84 87 0.0078 78 0.07 5.7 124 376 12 4 40 3 1.6 51.0 81 0.01
KL28-07 87 90 0.0071 71 0.11 1.1 68 43 8 6 7 2 0.7 6.5 116 0.01
KL28-07 90 93 0.003 30 0.02 0.6 59 111 15 5 4 3 0.9 13.0 138 0.01
KL28-07 93 94.5 0.0219 219 0.05 23.2 510 9700 20 12 49 3 2.5 27.8 112 0.01
KL28-07 94.5 96.5 0.55 5500 0.2 12.9 600 1900 46 3 74 10 4.7 59.0 41 0.01
KL28-07 96.5 99 0.107 1070 0.14 13.7 2020 1250 210 6 160 3 9.5 55.0 48 0.01



Appendix V - 156 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-07 99 102 0.0263 263 0.16 10.1 690 3500 50 37 40 13 1.7 16.5 74 0.01
KL28-07 102 105 0.009 90 0.13 6.5 237 10300 17 14 2 1 2.8 2.9 115 0.01
KL28-07 105 108 0.026 260 0.12 9.8 830 7200 25 7 24 3 6.3 3.0 35 0.01
KL28-07 108 111 0.0051 51 0.05 3.6 261 1250 8 28 13 1 1.7 1.5 119 0.01
KL28-07 111 114 0.0014 14 0.02 2.1 117 1010 10 8 4 1 1.8 0.7 78 0.01
KL28-07 114 117 0.0025 25 0.04 4 112 1880 6 6 8 1 2.9 0.8 132 0.01
KL28-07 117 118.5 0.0132 132 0.04 2.8 138 1070 11 8 6 1 1.8 1.5 106 0.01
KL28-07 118.5 121 0.0253 253 0.02 1.7 118 650 12 9 3 1 1.6 0.8 96 0.01
KL28-07 121 123 0.0032 32 0.07 5.8 203 1450 16 16 9 1 5.5 6.0 105 0.01
KL28-07 123 125 0.0059 59 0.03 3.9 158 950 21 10 7 1 5 2.9 77 0.01
KL28-07 125 127.5 0.0256 256 0.04 1.1 285 425 10 10 4 1 1.9 5.5 124 0.01
KL28-07 127.5 130.5 0.0325 325 0.03 1 171 162 8 8 3 1 1.9 3.0 102 0.01
KL28-07 130.5 133.5 0.0054 54 0.02 0.8 198 220 7 13 4 1 1.3 3.5 110 0.01
KL28-07 133.5 136.5 0.0129 129 0.01 0.6 102 153 4 7 2 1 1.3 3.3 67 0.01
KL28-07 136.5 139.5 0.0068 68 0.02 0.8 94 139 9 20 3 2 0.9 4.0 49 0.01
KL28-07 139.5 142.5 0.0109 109 0.02 1.8 138 590 12 640 12 1 1.4 15.8 52 0.01
KL28-07 142.5 145.5 0.0119 119 0.02 30.2 2360 7000 46 13 143 3 4.4 8.5 17 0.01
KL28-07 145.5 147 0.067 670 0.03 59 8000 11700 34 146 211 7 2.3 35.5 22 0.01
KL28-07 147 150 0.0043 43 0.01 2 410 510 30 9 0.01 1 1.9 1.3 13 0.01
KL28-07 150 153 0.166 1660 0.13 67 18000 11800 190 61 6 1 45 27.0 34 0.21
KL28-07 153 156 0.0221 221 0.04 18.9 3130 2820 24 10 26 2 3.6 6.3 27 0.01
KL28-07 156 158.3 0.0059 59 0.01 5 1640 2000 21 8 2 1 2.4 3.3 17 0.01
KL28-07 158.3 160.5 0.091 910 0.08 82 14800 45500 48 12 7 1 90 28.0 20 0.32
KL28-07 160.5 163.5 0.0086 86 0.02 5.3 940 1150 17 5 1 1 4.1 2.8 16 0.01
KL28-07 163.5 166.5 0.0158 158 0.03 5.7 3860 4100 11 9 2 1 4.2 4.8 19 0.01
KL28-07 166.5 169.5 0.0067 67 0.02 5.5 1620 2340 5 10 8 1 1.1 3.3 19 0.01
KL28-07 169.5 172.5 0.0084 84 0.02 11.1 1420 2830 10 29 23 1 1.6 4.8 17 0.01
KL28-07 172.5 175.5 0.0093 93 0.06 6.2 2900 8600 13 26 2 1 3.8 4.5 22 0.01
KL28-07 175.5 178.5 0.0363 363 0.02 3.3 1930 3320 4 11 4 1 1.8 5.8 21 0.01
KL28-07 178.5 180 0.0165 165 0.03 7.2 2820 6600 13 8 10 1 6.4 8.6 21 0.01
KL28-07 180 183 0.0092 92 0.01 0.1 209 317 3 16 0.01 1 0.6 1.2 20 0.01
KL28-07 183 186 0.0168 168 0.06 1.5 1360 2720 9 45 0.01 1 1.6 3.0 23 0.01
KL28-07 186 189 0.0164 164 0.06 1.9 2180 4580 14 34 2 1 2.5 4.5 22 0.01
KL28-07 189 192 0.0359 359 0.07 2.8 4390 5800 74 87 3 1 4.1 11.4 30 0.01
KL28-07 192 195 0.0248 248 0.02 1.2 540 1410 33 79 5 1 0.5 3.0 21 0.01
KL28-07 195 198 0.0087 87 0.02 0.6 369 1630 8 69 1 1 0.5 2.0 20 0.01
KL28-07 198 201 0.0121 121 0.01 0.9 490 2060 11 85 3 3 0.5 3.8 22 0.01
KL28-07 201 204 0.0324 324 0.04 2.6 1420 4270 52 107 10 1 2.8 4.3 22 0.01
KL28-07 204 207 0.0263 263 0.03 2.7 1570 2180 68 42 7 3 4 3.0 23 0.01
KL28-07 207 210 0.0097 97 0.05 2 1060 2280 17 163 6 1 2.1 2.4 29 0.01
KL28-07 210 213 0.018 180 0.03 1.8 870 1720 28 127 7 1 1.7 1.8 23 0.01
KL28-07 213 216 0.0187 187 0.02 3.8 1690 2970 39 117 13 1 3.8 3.0 22 0.01
KL28-07 216 219 0.0111 111 0.01 7.1 2830 5300 10 60 11 1 5.3 9.1 13 0.01
KL28-07 219 222 0.0076 76 0.01 2.4 1030 1500 12 49 2 1 3.9 2.8 10 0.01
KL28-07 222 225 0.0073 73 0.01 1.2 470 680 12 28 2 1 2 1.8 13 0.01
KL28-07 225 228 0.049 490 0.03 3.9 1870 2830 17 50 7 1 3.7 3.8 16 0.01
KL28-07 228 231 0.0096 96 0.01 1.2 690 640 14 53 5 1 1 2.3 16 0.01
KL28-07 231 234 0.017 170 0.04 0.1 610 322 9 79 2 2 1 1.8 22 0.01
KL28-07 234 237 0.041 410 0.15 1.6 1480 227 27 11 20 4 2.3 11.5 37 0.01
KL28-07 237 240 0.121 1210 0.22 12.2 8400 16000 53 72 54 3 2.7 110.0 36 0.01
KL28-07 240 241.5 0.08 800 0.12 6 4300 5100 18 8 54 3 1.8 39.3 24 0.01
KL28-07 241.5 244.5 0.044 440 0.13 6.7 7100 7700 12 11 115 4 1.6 40.0 25 0.01
KL28-07 244.5 247.5 0.0222 222 0.39 1.5 2700 145 6 4 19 3 1.3 5.4 15 0.01
KL28-07 247.5 249 0.07 700 0.24 7 14900 9100 33 13 135 5 6.3 60.4 33 0.01
KL28-07 249 252 0.061 610 0.48 3.5 14500 213 9 2 100 6 3.4 17.5 33 0.01
KL28-07 252 253.5 0.0164 164 0.11 0.1 1420 77 5 2 3 3 0.4 4.9 22 0.01
KL28-07 253.5 256.5 0.0378 378 0.07 0.1 2800 70 7 8 2 5 0.8 4.0 21 0.01
KL28-07 256.5 258 0.0099 99 0.02 0.1 2010 46 6 7 1 5 0.4 4.3 19 0.01
KL28-07 258 261 0.0234 234 0.04 0.1 7000 21 6 3 0.01 10 3.4 8.0 20 0.01
KL28-07 261 264 0.0046 46 0.02 0.1 740 23 5 2 0.01 5 1.1 3.3 13 0.01
KL28-07 264 267 0.067 670 0.12 0.1 16100 70 9 3 2 15 1.8 11.3 14 0.01
KL28-07 267 270 0.8 8000 0.93 3.5 34000 52 13 6 4 128 2.6 24.7 29 0.01
KL28-07 270 274.5 0.87 8700 0.88 2.1 5400 118 1 30 1 49 1.1 11.0 27 0.01



Appendix V - 157 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-07 274.5 277.5 1.51 15100 1.83 4 9900 93 4 32 7 60 0.4 34.5 25 0.01
KL28-07 277.5 280.5 0.83 8300 0.93 2.3 7100 90 4 10 5 58 2.4 12.3 30 0.01
KL28-07 280.5 283.5 0.113 1130 0.2 0.8 28700 60 5 6 1 93 4.4 15.3 25 0.01
KL28-07 283.5 286.5 0.307 3070 0.35 1.3 12900 35 19 5 1 48 3.7 10.5 26 0.01
KL28-07 286.5 288 1.07 10700 1.32 1.7 2900 37 4 44 1 45 1.4 9.3 20 0.01
KL28-07 288 291 0.91 9100 1.79 3.6 6600 124 6 550 4 50 1.5 18.3 33 0.01
KL28-07 291 294 0.61 6100 0.83 4.3 13800 116 17 77 2 33 0.5 33.0 24 0.01
KL28-07 294 297 0.68 6800 0.86 5.8 36400 195 31 540 1 41 2.8 43.2 32 0.01
KL28-07 297 300 0.074 740 0.13 0.1 143 40 32 430 1 5 0.3 6.0 70 0.01
KL28-07 300 303 0.127 1270 0.27 1 162 54 18 3010 3 7 0.2 9.3 66 0.01
KL28-07 303 306 0.106 1060 0.25 0.9 640 96 13 1350 4 9 0.3 6.6 36 0.01
KL28-07 306 309 0.21 2100 0.35 0.9 2900 135 8 1590 3 13 0.3 10.3 37 0.01
KL28-07 309 312 0.37 3700 1.58 3.4 5200 126 9 32 6 68 0.7 47.9 32 0.01
KL28-07 312 315 0.88 8800 2.06 20.6 10000 9200 6 324 106 104 1.6 96.8 33 0.01
KL28-07 315 318 0.153 1530 0.48 1.7 65800 105 10 63 2 57 0.7 39.8 27 0.01
KL28-07 318 321 0.95 9500 1.94 6.1 51200 132 14 940 4 80 0.5 19.8 48 0.01
KL28-07 321 324 0.2 2000 0.42 1.6 5900 63 5 224 0.01 15 0.3 11.8 30 0.01
KL28-07 324 327 0.077 770 0.29 0.6 860 105 17 1270 1 8 0.4 5.3 45 0.01
KL28-07 327 330 0.37 3700 1.27 1.7 28100 96 9 129 1 73 0.6 15.0 41 0.01
KL28-07 330 333 1.67 16700 7.63 6.5 2150 54 7 530 1 64 0.2 18.3 39 0.01
KL28-07 333 336 0.057 570 0.24 0.1 212 81 24 780 1 10 0.2 6.3 32 0.01
KL28-07 336 338.2 0.098 980 0.37 0.6 97 30 30 490 1 6 0.2 2.8 28 0.01
KL28-07 338.2 339.8 0.4 4000 1.39 1.9 1030 63 44 280 2 41 0.3 9.8 34 0.01
KL28-07 339.8 342 0.65 6500 1.68 4.3 3100 159 18 236 3 65 0.5 10.5 40 0.01
KL28-07 342 345 0.37 3700 0.67 1.9 3300 126 4 44 2 55 0.3 25.0 43 0.01
KL28-07 345 348 0.41 4100 0.6 2 780 85 2 19 4 103 0.2 12.3 51 0.01
KL28-07 348 351 0.64 6400 1.52 3.4 830 196 4 9 3 117 0.8 16.8 45 0.01
KL28-07 351 354 0.95 9500 1.9 4.7 630 124 2 17 1 104 0.5 11.8 35 0.01
KL28-07 354 357 1.36 13600 1.54 5.2 530 294 2 176 1 78 0.4 14.0 24 0.01
KL28-07 357 360 2.35 23500 1.58 3.4 430 46 1 295 0.01 67 0.4 12.0 19 0.01
KL28-07 360 363 1.9 19000 1.32 3.1 354 72 2 54 0.01 64 0.4 18.0 23 0.01
KL28-07 363 366 1.64 16400 1.52 2.3 281 33 0.01 4 0.01 50 0.3 20.0 16 0.01
KL28-07 366 369 2.27 22700 1.4 3.6 385 39 2 83 0.01 64 0.4 16.0 23 0.01
KL28-07 369 372 1.01 10100 1.28 2.3 220 20 0.01 153 0.01 45 0.3 3.9 31 0.01
KL28-07 372 375 1.07 10700 0.88 1.6 600 35 0.01 990 0.01 32 0.2 5.8 24 0.01
KL28-07 375 378 1.24 12400 0.89 2.1 270 27 0.01 308 0.01 40 0.2 14.5 25 0.01
KL28-07 378 381 0.65 6500 0.51 1.3 179 29 0.01 144 0.01 41 0.3 7.0 19 0.01
KL28-07 381 384 0.73 7300 0.55 1.2 210 35 0.01 590 0.01 43 0.01 6.5 17 0.01
KL28-07 384 387 2.42 24200 0.76 2.4 263 16 0.01 323 0.01 54 0.01 16.0 24 0.01
KL28-07 387 390 2.86 28600 1.62 4.7 181 12 1 15 1 38 0.01 16.0 24 0.01
KL28-07 390 391.6 4.4 44000 5.36 14.5 144 18 1 8 6 40 0.01 30.0 27 0.01
KL28-07 391.6 393.7 4.18 41800 33 14.4 157 12 1 50 8 40 0.01 17.5 38 0.01
KL28-07 393.7 396 3.7 37000 1.95 2.6 163 22 3 17 0.01 29 0.01 11.0 57 0.01
KL28-07 396 399 0.73 7300 0.65 1.1 273 20 2 140 0.01 13 0.2 3.5 71 0.01
KL28-07 399 402 1.24 12400 0.69 3.8 185 39 5 187 1 10 0.4 8.5 55 0.01
KL28-07 402 405 0.58 5800 0.28 1.1 104 13 2 215 0.01 10 0.01 6.3 45 0.01
KL28-07 405 408 0.98 9800 0.89 4.7 1760 200 170 213 3 14 9.6 12.0 159 0.01
KL28-07 408 411 1.1 11000 0.5 2.8 154 52 27 219 2 10 0.9 4.8 101 0.01
KL28-07 411 414 1.64 16400 1.13 2.8 80 27 7 131 3 15 0.4 10.5 80 0.01
KL28-07 414 417 1.61 16100 1.21 2.7 114 41 1 56 1 13 0.01 8.0 63 0.01
KL28-07 417 420 1.53 15300 0.71 2.2 154 29 2 158 0.01 15 0.01 7.0 67 0.01
KL28-07 420 423 1.84 18400 0.89 2.3 115 15 0.01 81 0.01 18 0.01 7.0 85 0.01
KL28-07 423 426 1.49 14900 0.75 2.2 96 12 0.01 24 0.01 14 0.01 6.5 77 0.01
KL28-07 426 429 1.12 11200 0.49 2.3 460 30 2 75 1 15 0.01 6.0 82 0.01
KL28-07 429 432 1.21 12100 0.53 2 106 18 1 150 0.01 15 0.01 8.0 78 0.01
KL28-07 432 435 1.27 12700 0.49 2.4 106 20 1 380 0.01 14 0.01 8.0 73 0.01
KL28-07 435 438 1.47 14700 0.67 2.1 128 30 1 133 0.01 14 0.01 7.5 85 0.01
KL28-07 438 441 1.12 11200 0.43 2.1 72 15 2 180 1 12 0.01 4.3 90 0.01
KL28-07 441 444 1.47 14700 0.36 4.1 374 260 24 100 3 20 0.6 19.0 81 0.01
KL28-07 444 447 1.32 13200 0.19 5.2 3070 1430 46 106 6 34 0.6 27.5 78 0.01
KL28-07 447 450 1.11 11100 0.12 3.4 940 630 54 130 1 17 0.8 10.5 63 0.01
KL28-07 450 453 0.83 8300 0.31 2.3 630 55 4 301 1 14 0.6 6.8 107 0.01
KL28-07 453 455.5 1.05 10500 0.51 2.1 95 39 0.01 83 1 16 0.2 5.5 85 0.01



Appendix V - 158 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-07 455.5 457.5 1.07 10700 0.64 1.9 94 24 1 530 0.01 15 0.01 5.0 75 0.01
KL28-07 457.5 459 0.51 5100 0.4 1 640 19 1 273 1 13 0.01 3.5 69 0.01
KL28-07 459 462 0.76 7600 0.37 1.9 130 110 3 70 0.01 21 0.01 5.0 71 0.01
KL28-07 462 465 0.98 9800 0.36 2.1 95 17 1 217 0.01 26 0.01 4.5 102 0.01
KL28-07 465 468 0.8 8000 0.32 3.6 280 61 0.01 480 2 15 0.2 5.3 88 0.01
KL28-07 468 471 0.7 7000 0.4 2.2 128 121 0.01 142 0.01 16 0.01 4.8 73 0.01
KL28-07 471 474 0.75 7500 0.34 1.9 94 25 0.01 229 0.01 19 0.2 4.8 86 0.01
KL28-07 474 477 0.6 6000 0.26 1.7 87 21 0.01 80 0.01 17 0.01 6.8 84 0.01
KL28-07 477 480 0.5 5000 0.26 1.3 117 165 0.01 62 0.01 12 0.2 5.8 72 0.01
KL28-07 480 483 0.336 3360 0.14 0.8 75 17 0.01 190 0.01 10 0.01 7.0 66 0.01
KL28-07 483 486 0.54 5400 0.17 1.8 71 13 0.01 150 0.01 12 0.01 5.5 70 0.01
KL28-07 486 489 0.45 4500 0.2 1.2 72 13 0.01 108 0.01 12 0.01 3.8 54 0.01
KL28-07 489 492 0.431 4310 0.21 2.1 126 30 0.01 120 1 12 0.5 5.3 58 0.01
KL28-07 492 495 0.494 4940 0.2 1.3 184 23 0.01 140 0.01 16 0.01 6.0 63 0.01
KL28-07 495 496.9 0.459 4590 0.17 0.9 187 24 1 116 0.01 11 0.2 5.3 64 0.01
KL28-07 496.9 498.7 0.6 6000 0.2 1.7 112 18 0.01 142 0.01 12 0.2 5.3 77 0.01
KL28-07 498.7 501 0.66 6600 0.29 1.6 490 24 2 61 0.01 10 0.3 12.0 83 0.01
KL28-07 501 504 1.37 13700 0.56 7.5 397 150 12 65 35 12 2 12.5 117 0.01
KL28-07 504 507 0.89 8900 0.36 2.7 166 62 7 124 0.01 38 0.01 6.3 65 0.01
KL28-07 507 510 1.07 10700 0.5 4.3 480 42 0.01 121 1 25 0.01 22.5 70 0.01
KL28-07 510 513 1.62 16200 0.96 3.2 141 41 0.01 570 2 19 0.2 8.8 80 0.01
KL28-07 513 516 0.82 8200 0.45 2.1 73 23 0.01 94 2 6 0.5 2.8 165 0.01
KL28-07 516 519 0.79 7900 0.46 1.9 57 41 0.01 66 0.01 10 0.01 3.8 150 0.01
KL28-07 519 522 1.01 10100 0.17 2.2 76 45 3 34 3 9 0.3 10.5 165 0.01
KL28-07 522 525 0.463 4630 0.05 1.3 120 77 0.01 56 2 5 0.2 5.0 193 0.01
KL28-07 525 528 0.61 6100 0.11 1 60 27 0.01 21 1 3 0.01 3.8 201 0.01
KL28-07 528 531 0.464 4640 0.39 0.8 56 22 0.01 48 1 6 0.01 2.5 210 0.01
KL28-07 531 534 0.89 8900 0.49 3.5 130 38 0.01 47 1 14 0.2 5.5 164 0.01
KL28-07 534 537 0.52 5200 0.26 2 96 28 0.01 156 1 9 0.01 4.3 152 0.01
KL28-07 537 540 0.69 6900 0.29 2.4 287 174 5 15 1 7 0.4 3.3 149 0.01
KL28-07 540 543 0.95 9500 0.4 2.2 60 30 0.01 47 1 7 0.7 3.5 207 0.01
KL28-07 543 546 0.5 5000 0.15 1 70 38 0.01 58 1 3 0.9 4.0 70 0.01
KL28-07 546 549 0.75 7500 0.29 1.4 55 30 0.01 18 1 4 0.7 5.3 53 0.01
KL28-07 549 552 0.84 8400 0.35 1.4 31 18 0.01 16 1 4 0.5 4.4 41 0.01
KL28-07 552 555 1.03 10300 0.44 2.4 47 31 14 27 2 6 1.8 11.5 72 0.01
KL28-07 555 558 0.9 9000 0.45 1.9 67 34 0.01 38 1 5 0.4 5.3 65 0.01
KL28-07 558 561 0.8 8000 0.58 2 58 38 57 14 1 10 1.8 8.6 82 0.01
KL28-07 561 564 0.95 9500 0.45 2.6 58 25 4 26 2 4 0.6 5.0 54 0.01
KL28-07 564 567 0.94 9400 0.46 1.3 38 41 0.01 24 0.01 7 0.5 4.5 51 0.01
KL28-07 567 569.5 0.71 7100 0.41 1.2 50 25 0.01 16 0.01 7 0.4 3.5 60 0.01
KL28-07 569.5 572.5 0.84 8400 0.27 1.6 60 26 2 11 1 7 1.6 5.8 146 0.01
KL28-07 572.5 575.6 0.77 7700 0.45 1.7 85 55 0.01 20 1 6 0.5 5.3 85 0.01
KL28-07 575.6 578.7 0.466 4660 0.31 1.3 40 20 0.01 9 1 7 1.4 6.3 66 0.01
KL28-07 578.7 581.8 0.63 6300 0.44 1.9 57 30 0.01 14 0.01 6 0.3 3.5 54 0.01
KL28-07 581.8 584.9 0.66 6600 0.25 1.4 65 30 0.01 13 1 5 0.5 3.8 44 0.01
KL28-07 584.9 588 0.62 6200 0.3 1.4 91 37 4 9 0.01 6 1.4 4.5 105 0.01
KL28-07 588 591 1.04 10400 0.45 2.4 75 28 15 25 1 7 1 6.3 136 0.01
KL28-07 591 594 0.72 7200 0.18 1.5 93 17 56 6 2 3 2.6 4.8 273 0.01
KL28-07 594 597 0.8 8000 0.57 1.7 56 11 12 13 0.01 5 0.2 5.3 270 0.01
KL28-07 597 600 0.83 8300 0.76 1.6 43 12 2 44 0.01 5 0.3 5.0 334 0.01
KL28-07 600 603 0.78 7800 0.38 1.8 116 37 19 25 2 7 3.5 7.3 224 0.01
KL28-07 603 605.2 0.88 8800 0.32 1.5 79 20 33 22 1 6 0.3 4.7 286 0.01
KL28-07 605.2 608.2 0.78 7800 0.44 1.2 44 21 2 21 0.01 9 0.3 4.3 307 0.01
KL28-07 608.2 610 0.8 8000 0.35 1.5 42 13 2 39 0.01 11 0.3 4.3 126 0.01
KL28-07 610 612.4 0.81 8100 0.39 1.3 60 25 4 31 1 13 0.2 4.8 174 0.01
KL28-07 612.4 615 0.69 6900 0.33 1.6 50 23 7 12 1 3 2.8 4.3 267 0.01
KL28-07 615 618 1.04 10400 1.02 2.2 69 12 2 16 2 14 0.01 8.5 274 0.01
KL28-07 618 621 0.58 5800 0.37 1.5 145 38 23 17 1 14 0.4 6.8 292 0.01
KL28-07 621 624 0.7 7000 0.61 1.4 95 32 3 11 1 10 0.2 4.3 313 0.01
KL28-07 624 627 0.52 5200 0.31 1.1 160 65 4 18 0.01 6 0.4 3.7 86 0.01
KL28-07 627 630 0.81 8100 0.6 1.3 58 21 2 13 0.01 6 0.4 2.5 165 0.01
KL28-07 630 633 0.84 8400 0.7 1.7 58 17 2 44 1 7 1.4 5.0 256 0.01
KL28-07 633 636 0.96 9600 0.6 2.3 320 134 860 8 5 8 33 5.5 141 0.01



Appendix V - 159 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-07 636 639 0.461 4610 0.23 1.5 113 33 16 59 1 3 1 3.0 154 0.01
KL28-07 639 642 1.01 10100 0.58 1.4 82 14 5 16 3 25 0.3 4.8 152 0.01
KL28-07 642 645 0.51 5100 0.16 1.2 61 33 15 12 1 3 2.4 4.0 147 0.01
KL28-07 645 648 0.495 4950 0.15 1.3 381 56 3 13 1 6 0.8 6.3 112 0.01
KL28-07 648 651 0.52 5200 0.38 1.1 62 34 2 22 0.01 4 0.5 3.9 129 0.01
KL28-07 651 654 0.415 4150 0.18 0.8 64 25 2 17 0.01 5 0.2 3.5 129 0.01
KL28-07 654 657 0.29 2900 0.08 0.6 96 38 5 16 0.01 3 0.4 2.3 123 0.01
KL28-07 657 660 0.069 690 0.03 0.1 34 9 2 1 0.01 7 0.01 0.0 49 0.01
KL28-07 660 663 0.26 2600 0.1 0.1 51 18 3 5 0.01 3 0.2 2.3 192 0.01
KL28-07 663 666 0.26 2600 0.13 0.5 62 27 3 8 0.01 3 0.6 2.0 75 0.01
KL28-07 666 669 0.25 2500 0.16 0.1 57 25 2 12 0.01 3 0.4 2.5 73 0.01
KL28-07 669 672 0.41 4100 0.2 0.8 43 13 1 11 0.01 4 0.2 2.8 177 0.01
KL28-07 672 675 0.63 6300 0.33 1.2 52 21 19 105 0.01 7 0.4 4.3 152 0.01
KL28-07 675 678 0.459 4590 0.23 0.6 30 14 3 11 0.01 7 0.2 2.0 155 0.01
KL28-07 678 681 0.408 4080 0.22 1.1 44 17 1 8 0.01 8 0.2 2.8 211 0.01
KL28-07 681 684 0.434 4340 0.23 1 47 26 1 20 0.01 9 0.3 5.0 242 0.01
KL28-07 684 686.5 0.482 4820 0.21 1 113 45 15 7 0.01 7 0.5 3.7 223 0.01
KL28-07 686.5 689.6 0.382 3820 0.11 0.8 108 44 18 22 2 7 1.1 4.3 193 0.01
KL28-07 689.6 692.7 0.112 1120 0.05 0.1 55 19 3 36 0.01 9 0.2 1.0 172 0.01
KL28-07 692.7 695.8 0.26 2600 0.1 1.2 77 23 2 35 0.01 5 0.8 3.3 258 0.01
KL28-07 695.8 698.9 0.295 2950 0.1 0.8 64 18 1 15 0.01 5 0.01 3.4 267 0.01
KL28-07 698.9 702 0.385 3850 0.2 1.5 83 21 4 15 0.01 8 0.3 3.5 160 0.01
KL28-07 702 705 0.24 2400 0.13 0.8 57 17 2 23 0.01 8 0.5 4.0 237 0.01
KL28-07 705 708 0.354 3540 0.13 1.2 62 18 4 9 0.01 6 0.3 3.2 205 0.01
KL28-07 708 711 0.25 2500 0.12 0.9 61 16 4 12 0.01 5 0.3 2.7 260 0.01
KL28-07 711 714 0.28 2800 0.14 1 246 73 12 21 0.01 5 0.6 3.4 191 0.01
KL28-07 714 717 0.425 4250 0.24 1.4 83 32 4 13 2 3 0.5 5.4 211 0.01
KL28-07 717 720 0.368 3680 0.27 1.2 52 22 4 15 0.01 4 0.8 3.1 210 0.01
KL28-07 720 723 0.25 2500 0.17 0.8 53 19 1 10 0.01 5 0.3 3.0 237 0.01
KL28-07 723 726 0.339 3390 0.21 1.4 270 129 5 22 1 8 0.7 3.7 158 0.01
KL28-07 726 729 0.465 4650 0.13 1.3 81 19 4 16 0.01 7 0.5 2.8 128 0.01
KL28-07 729 732 0.473 4730 0.07 1.5 88 48 35 30 1 6 0.8 8.1 126 0.01
KL28-07 732 735 0.351 3510 0.1 1.2 78 32 6 21 1 6 0.4 3.0 138 0.01
KL28-07 735 738 0.369 3690 0.17 1.8 234 335 25 58 1 8 1.3 3.9 205 0.01
KL28-08 0 2.5 0.0071 71 0.01 0.1 245 107 11 4 0.01 2 0.8 1.2 32 0.01
KL28-08 2.5 5.5 0.0034 34 0.01 0.1 67 31 7 2 0.01 1 0.3 0.8 22 0.01
KL28-08 5.5 8.2 0.0054 54 0.01 0.1 98 36 23 4 0.01 2 0.4 1.4 21 0.01
KL28-08 8.2 11.5 0.005 50 0.02 0.1 164 101 10 6 1 1 0.5 2.0 20 0.01
KL28-08 11.5 14.5 0.0063 63 0.01 0.9 1470 322 14 2 0.01 2 0.7 0.5 26 0.01
KL28-08 14.5 17.5 0.004 40 0.01 0.8 116 119 17 3 0.01 3 0.7 1.4 24 0.01
KL28-08 17.5 20.5 0.0023 23 0.02 0.1 140 75 9 1 0.01 3 0.5 1.0 25 0.01
KL28-08 20.5 23.5 0.0045 45 0.04 0.6 139 132 11 3 0.01 1 0.9 3.8 21 0.01
KL28-08 23.5 26.5 0.004 40 0.01 0.1 78 93 5 2 0.01 1 0.9 1.4 18 0.01
KL28-08 26.5 29.5 0.0034 34 0.03 0.7 174 242 10 4 0.01 1 1.1 1.5 18 0.01
KL28-08 29.5 32.5 0.004 40 0.03 0.6 93 264 8 3 0.01 1 1.8 1.7 18 0.01
KL28-08 32.5 35.5 0.0073 73 0.01 4.8 6500 5100 14 10 1 1 5 1.0 28 0.01
KL28-08 35.5 38.5 0.005 50 0.09 10.3 13300 9100 40 6 25 1 8.3 3.5 23 0.01
KL28-08 38.5 41.5 0.0044 44 0.01 0.6 326 298 20 12 2 2 1.3 2.6 26 0.01
KL28-08 41.5 44.5 0.0024 24 0.21 1.6 187 610 45 11 1 1 2.1 3.1 22 0.01
KL28-08 44.5 47.5 0.0046 46 0.12 0.7 118 85 53 13 4 1 1.2 3.4 26 0.01
KL28-08 47.5 50.5 0.004 40 0.04 5.3 1170 1850 16 33 18 1 1.3 22.5 23 0.01
KL28-08 50.5 53.5 0.0037 37 0.03 4 1490 3320 24 26 10 1 1.8 40.5 36 0.01
KL28-08 53.5 56.5 0.0145 145 0.2 17.5 11500 11400 34 50 70 3 3.4 210.0 27 0.01
KL28-08 56.5 59.5 0.0179 179 0.07 29.5 8600 6000 24 20 172 1 4.5 115.0 35 0.01
KL28-08 59.5 62.5 0.0079 79 0.01 8.4 1690 5050 41 12 52 2 1.8 70.0 36 0.01
KL28-08 62.5 65.5 0.083 830 0.07 96 62800 16600 94 10 2450 4 8.3 825.0 62 0.01
KL28-08 65.5 68.5 0.0184 184 0.05 4.8 6100 770 22 18 350 1 1.6 43.0 23 0.01
KL28-08 68.5 71.5 0.0054 54 0.08 5.6 3360 2060 18 10 50 1 2.4 9.0 23 0.01
KL28-08 71.5 74.5 0.0016 16 0.11 0.6 216 344 25 6 0.01 1 1.9 1.8 17 0.01
KL28-08 74.5 77.5 0.0038 38 0.07 0.1 149 163 13 3 0.01 1 0.7 1.3 19 0.01
KL28-08 77.5 80.5 0.0018 18 0.05 0.5 292 580 19 5 1 2 1.1 2.4 21 0.01
KL28-08 80.5 83.5 0.0013 13 0.07 0.5 131 238 24 3 1 1 1.1 2.3 20 0.01
KL28-08 83.5 86.5 0.003 30 0.12 0.6 287 450 25 3 1 1 1.3 2.3 28 0.01



Appendix V - 160 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-08 86.5 89.5 0.0015 15 0.01 0.1 228 312 13 7 0.01 1 0.8 1.5 18 0.01
KL28-08 89.5 92.5 0.0022 22 0.05 0.9 480 490 45 1 1 1 1.3 3.2 28 0.01
KL28-08 92.5 95.5 0.0014 14 0.04 0.5 227 330 15 4 0.01 1 0.9 2.5 28 0.01
KL28-08 95.5 98.5 0.0017 17 0.07 0.6 520 292 12 3 4 1 0.8 1.8 18 0.01
KL28-08 98.5 101.5 0.0027 27 0.04 0.1 71 158 9 7 0.01 1 0.6 1.1 26 0.01
KL28-08 101.5 104.5 0.0018 18 0.08 0.1 335 119 12 3 0.01 1 0.5 1.6 27 0.01
KL28-08 104.5 107.5 0.0033 33 0.01 0.1 122 225 24 5 0.01 1 0.3 4.6 25 0.01
KL28-08 107.5 110.5 0.0008 8 0.01 0.1 113 120 9 4 0.01 2 0.3 2.0 10 0.01
KL28-08 110.5 113.5 0.0028 28 0.01 0.7 177 102 15 2 5 1 0.6 4.3 22 0.01
KL28-08 113.5 116.5 0.0052 52 0.04 0.8 121 45 18 5 7 1 1.1 4.4 85 0.01
KL28-08 116.5 119.5 0.0048 48 0.04 0.6 90 41 28 1 5 3 1.5 6.8 78 0.01
KL28-08 119.5 122 0.0053 53 0.03 0.1 69 31 18 2 1 3 0.8 7.6 131 0.01
KL28-08 122 125.1 0.0025 25 0.04 0.1 60 29 13 4 3 4 0.5 7.6 102 0.01
KL28-08 125.1 127.8 0.0101 101 0.03 0.1 82 40 20 3 2 9 0.5 6.6 62 0.01
KL28-08 127.8 130.9 0.0154 154 0.03 0.6 112 77 20 3 3 11 0.4 6.6 54 0.01
KL28-08 130.9 132.4 0.431 4310 0.06 14 1150 384 30 8 8 7 1.3 19.8 90 0.01
KL28-08 132.4 134 1.06 10600 0.32 45 6800 2500 110 26 150 7 6.2 176.0 67 0.01
KL28-08 134 137.1 0.165 1650 0.3 25 1330 12400 73 8 78 6 5.8 12.0 28 0.01
KL28-08 137.1 140.2 0.321 3210 0.14 8 151 2360 6 10 19 2 1.8 9.5 93 0.01
KL28-08 140.2 143.2 0.0165 165 0.16 1.5 174 470 18 3 24 1 2.3 3.1 33 0.01
KL28-08 143.2 145.3 0.024 240 0.06 1.6 156 231 25 26 38 2 2.8 6.3 25 0.01
KL28-08 145.3 147 0.017 170 0.05 1.3 128 180 15 30 12 1 2.4 2.8 35 0.01
KL28-08 147 149.5 0.36 3600 0.25 4 120 273 8 24 14 2 1.3 9.3 63 0.01
KL28-08 149.5 152.5 0.415 4150 0.25 4 154 282 12 26 8 2 1.5 9.8 90 0.01
KL28-08 152.5 155.5 2.58 25800 0.36 16.5 312 850 30 24 8 5 1.6 15.0 145 0.01
KL28-08 155.5 158.3 1.19 11900 0.29 9.2 149 450 24 8 3 1 0.8 9.5 138 0.01
KL28-08 158.3 161.4 0.204 2040 0.1 2.2 180 155 15 62 3 1 2.8 5.6 82 0.01
KL28-08 161.4 164.4 0.048 480 0.07 1.7 460 178 46 90 40 1 3.8 4.6 46 0.01
KL28-08 164.4 167.4 0.053 530 0.09 1.4 350 227 16 32 6 2 1.7 5.5 78 0.01
KL28-08 167.4 170.4 0.22 2200 0.48 6.8 420 800 43 156 30 3 4.5 15.0 68 0.01
KL28-08 170.4 173.4 0.0184 184 0.08 2.2 359 182 17 107 10 2 2.2 5.0 108 0.01
KL28-08 173.4 176.5 0.0155 155 0.04 2.6 248 150 15 34 14 1 3.7 3.7 55 0.01
KL28-08 176.5 179.5 0.0213 213 0.06 1.9 114 158 18 180 12 1 3 4.4 73 0.01
KL28-08 179.5 182.5 0.0169 169 0.08 1.8 61 120 14 69 7 1 0.9 3.1 40 0.01
KL28-08 182.5 185.5 0.0197 197 0.06 2.5 67 288 11 460 14 1 1.3 5.5 20 0.01
KL28-08 185.5 188.5 0.0152 152 0.05 1.1 66 134 1 430 3 1 1.4 4.2 23 0.01
KL28-08 188.5 191.5 0.0311 311 0.07 2.3 470 414 27 106 4 2 2.2 5.9 30 0.01
KL28-08 191.5 193.4 0.318 3180 1.72 71 29400 7400 250 260 298 50 10.4 126.0 45 0.01
KL28-08 193.4 196.2 0.345 3450 0.76 224 98400 75400 140 500 560 8 43.5 463.0 78 0.01
KL28-08 196.2 198.4 0.055 550 0.18 67 12100 16600 21 56 140 2 6.8 72.5 33 0.01
KL28-08 198.4 200.4 0.0101 101 0.06 4.4 1120 2760 12 88 7 1 1.5 7.6 32 0.01
KL28-08 200.4 202.8 0.015 150 0.07 7.4 4830 8000 29 40 10 1 5.5 21.0 26 0.01
KL28-08 202.8 205.9 0.0078 78 0.03 4.6 1700 3770 25 34 6 1 3 13.8 18 0.01
KL28-08 205.9 207.7 0.0141 141 0.06 6 3760 3810 33 100 12 1 2.8 8.0 15 0.01
KL28-08 207.7 210.2 0.0088 88 0.04 14 1540 4160 16 25 29 1 3 12.3 23 0.01
KL28-08 210.2 212.6 0.0098 98 0.04 5 1450 1910 34 32 14 1 1.2 6.1 17 0.01
KL28-08 212.6 215.5 0.0109 109 0.04 2.9 1440 2050 7 39 2 1 1.8 8.8 18 0.01
KL28-08 215.5 218.5 0.0214 214 0.05 6.8 7300 6100 31 80 4 1 6.5 16.0 30 0.1
KL28-08 218.5 221.5 0.019 190 0.04 2.4 1280 2340 30 65 4 1 3.7 6.8 19 0.01
KL28-08 221.5 224.5 0.0135 135 0.02 2.5 610 2630 20 34 4 1 2.5 4.8 20 0.01
KL28-08 224.5 227.5 0.0108 108 0.04 3.7 2740 4010 13 49 2 1 4.9 4.5 23 0.01
KL28-08 227.5 230 0.054 540 0.04 6.8 2600 14600 40 38 5 1 11.8 38.0 23 0.01
KL28-08 230 231.5 0.083 830 0.1 32 9600 28000 50 53 50 1 27.3 45.5 23 0.01
KL28-08 231.5 234 0.0262 262 0.05 3.2 1370 3240 24 61 13 2 2.6 10.0 26 0.01
KL28-08 234 236.7 0.0165 165 0.02 4 640 6700 18 42 5 2 7.8 11.0 33 0.01
KL28-08 236.7 239.5 0.0169 169 0.02 3.3 1380 3900 32 25 8 2 5.8 4.0 26 0.01
KL28-08 239.5 242.3 0.0324 324 0.04 7.3 3580 6800 37 20 17 2 5.2 15.7 34 0.01
KL28-08 242.3 245.5 0.0179 179 0.04 5.2 2650 4360 20 14 15 2 2.6 9.0 33 0.01
KL28-08 245.5 247.8 0.0338 338 0.05 4.8 2370 3350 68 20 14 3 11.4 8.6 52 0.01
KL28-08 247.8 250.5 0.052 520 0.04 4.8 3060 2720 22 24 34 2 3.5 9.0 34 0.01
KL28-08 250.5 253.6 0.115 1150 0.14 14 6100 5600 51 17 147 4 4.6 19.1 39 0.01
KL28-08 253.6 256.7 0.085 850 0.09 29 4700 14400 36 25 210 6 13.3 17.8 26 0.01
KL28-08 256.7 259.8 0.0203 203 0.04 14 1810 3260 12 17 52 3 2.5 7.3 21 0.01



Appendix V - 161 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-08 259.8 262.9 0.0124 124 0.03 4.2 3040 7200 6 30 7 1 2.8 5.0 14 0.01
KL28-08 262.9 266 0.0125 125 0.02 3.7 6200 4100 3 29 6 1 1.8 5.3 10 0.01
KL28-08 266 269.1 0.0163 163 0.03 2.8 3440 6200 8 17 6 1 3.4 15.8 16 0.01
KL28-08 269.1 271.9 0.128 1280 0.12 4.6 3170 5430 15 100 7 4 2.1 15.0 26 0.01
KL28-08 271.9 274.1 0.27 2700 0.9 39 18900 26000 26 20 285 7 9.2 375.0 30 0.01
KL28-08 274.1 276.6 0.955 9550 3.67 104 44000 88700 27 185 910 18 3.7 630.0 25 0.01
KL28-08 276.6 278.5 0.56 5600 1.39 35 39600 27300 17 123 177 13 19.2 229.0 26 0.01
KL28-08 278.5 281.5 0.079 790 0.25 14.2 18700 18000 21 46 110 8 17.2 155.0 35 0.1
KL28-08 281.5 284.5 0.078 780 0.46 10 18900 8200 20 128 54 15 22 84.0 31 0.11
KL28-08 284.5 287.5 0.059 590 0.73 7.4 25300 640 10 13 115 26 13.4 110.0 20 0.01
KL28-08 287.5 290.5 0.27 2700 0.64 6.1 20300 1500 1 8 45 21 13.5 46.8 24 0.01
KL28-08 290.5 293.5 0.058 580 0.13 0.7 13400 29 0.01 2 4 15 0.6 14.5 16 0.01
KL28-08 293.5 296.5 0.032 320 0.08 0.8 2580 327 2 2 7 7 0.5 6.5 14 0.01
KL28-08 296.5 299.5 0.041 410 0.09 1 2980 221 6 8 14 5 1.2 6.0 10 0.01
KL28-08 299.5 302.7 0.86 8600 1.7 1.9 4200 42 4 20 6 33 1.5 29.3 20 0.01
KL28-08 302.7 305.5 0.78 7800 0.92 1.6 1450 55 11 94 1 31 0.2 16.8 19 0.01
KL28-08 305.5 308.5 0.67 6700 0.72 1.5 5500 27 1 470 3 25 0.4 16.8 16 0.01
KL28-08 308.5 311.5 0.8 8000 1.19 1.3 348 28 1 35 0.01 23 0.3 16.3 18 0.01
KL28-08 311.5 314.5 0.77 7700 1 1.2 940 31 5 84 0.01 23 0.01 19.3 31 0.01
KL28-08 314.5 317.5 0.51 5100 0.63 0.7 232 35 1 840 0.01 16 0.01 12.3 20 0.01
KL28-08 317.5 320.5 0.056 560 0.13 0.1 122 25 0.01 230 0.01 5 0.01 10.0 13 0.01
KL28-08 320.5 323.5 0.191 1910 0.49 0.6 341 91 1 32 9 10 0.01 7.8 19 0.01
KL28-08 323.5 326.5 0.126 1260 0.2 0.1 158 23 2 75 1 8 0.01 4.0 13 0.01
KL28-08 326.5 329.5 0.255 2550 0.37 1 550 64 2 41 2 15 0.4 6.3 14 0.01
KL28-08 329.5 332.5 0.194 1940 0.19 4.1 5100 5900 22 224 2 9 4.6 13.3 33 0.1
KL28-08 332.5 335.5 0.157 1570 0.41 1 293 185 26 212 1 10 0.6 4.5 31 0.01
KL28-08 335.5 338.5 0.05 500 0.3 0.6 265 142 14 40 1 10 0.2 2.3 22 0.01
KL28-08 338.5 341.5 0.62 6200 0.86 1.9 910 101 7 85 3 43 0.6 19.0 14 0.01
KL28-08 341.5 344.5 1 10000 1.44 2.2 1190 44 1 270 2 56 0.01 23.2 33 0.01
KL28-08 344.5 347.5 0.64 6400 1.06 1.6 710 82 0.01 70 3 39 0.2 22.5 14 0.01
KL28-08 347.5 350.5 0.3 3000 0.74 1.3 950 860 9 136 7 22 0.6 12.3 13 0.01
KL28-08 350.5 353.5 0.151 1510 0.3 0.1 214 42 2 59 1 14 0.2 4.4 16 0.01
KL28-08 353.5 356.5 0.22 2200 0.68 0.1 205 40 4 47 0.01 38 0.01 15.8 17 0.01
KL28-08 356.5 359.5 2.34 23400 3.33 7.5 1380 274 6 20 1 49 0.01 32.5 21 0.01
KL28-08 359.5 362.5 0.58 5800 0.81 1.1 335 137 1 29 6 21 0.3 16.3 18 0.01
KL28-08 362.5 365.5 0.25 2500 0.49 1.3 168 57 1 51 3 14 0.01 11.0 14 0.01
KL28-08 365.5 368.5 0.28 2800 0.86 1 105 24 2 1380 2 12 0.01 11.5 23 0.01
KL28-08 368.5 371.5 0.74 7400 2.06 1.6 104 25 15 750 0.01 26 0.01 9.8 38 0.01
KL28-08 371.5 374.5 0.85 8500 1.81 2.2 125 35 6 1680 1 15 0.01 10.0 20 0.01
KL28-08 374.5 377.5 1.02 10200 2.15 3.4 440 203 17 1340 2 28 0.01 13.8 41 0.01
KL28-08 377.5 380.5 3.32 33200 5.19 8 880 54 3 242 0.01 38 0.01 17.5 34 0.01
KL28-08 380.5 383.5 3.28 32800 3.8 5.5 710 262 1 231 1 56 0.01 23.5 29 0.01
KL28-08 383.5 386.5 2.35 23500 1.84 4.2 420 38 2 11 0.01 67 0.01 30.0 15 0.01
KL28-08 386.5 389.5 1.46 14600 0.99 1.8 510 155 0.01 1290 0.01 53 0.01 13.3 20 0.01
KL28-08 389.5 392.5 1.12 11200 0.8 1.1 266 58 0.01 71 1 43 0.01 11.0 13 0.01
KL28-08 392.5 395.5 3.05 30500 2.89 3.5 329 34 0.01 1740 0.01 71 0.01 27.5 11 0.01
KL28-08 395.5 398.5 1.55 15500 1.09 8 2650 670 5 121 0.01 53 0.9 13.5 15 0.01
KL28-08 398.5 401.5 1.08 10800 0.95 4.8 232 130 4 306 3 39 0.4 17.5 17 0.01
KL28-08 401.5 404.5 0.315 3150 0.69 1.5 440 202 12 20 1 65 0.4 20.3 29 0.01
KL28-08 404.5 407.5 0.56 5600 0.6 2.5 5200 600 20 27 14 61 1.4 16.8 14 0.01
KL28-08 407.5 410.5 1.7 17000 1.27 2.1 183 18 0.01 89 0.01 40 0.01 10.0 11 0.01
KL28-08 410.5 413.5 1.6 16000 1.19 2.9 159 21 3 180 2 71 0.01 31.0 12 0.01
KL28-08 413.5 415 3.14 31400 1.9 10 321 27 7 48 0.01 29 0.7 10.0 23 0.1
KL28-08 415 417.7 3.94 39400 2.35 5.9 220 14 0.01 13 0.01 41 0.01 11.3 16 0.01
KL28-08 417.7 419.5 1.3 13000 0.82 2.1 248 19 3 80 0.01 28 0.01 12.0 13 0.01
KL28-08 419.5 422.9 0.6 6000 0.28 1.2 221 34 21 152 7 23 0.2 15.8 34 0.01
KL28-08 422.9 425.5 0.56 5600 0.32 1 147 9 3 120 2 74 0.3 5.8 12 0.01
KL28-08 425.5 428.5 0.77 7700 0.89 2.2 164 32 2 24 2 54 0.01 6.0 6 0.01
KL28-08 428.5 431.5 0.375 3750 0.4 0.8 76 11 2 35 2 103 0.01 16.0 14 0.01
KL28-08 431.5 434.5 0.215 2150 0.19 0.1 89 11 0.01 28 1 91 0.01 17.3 10 0.01
KL28-08 434.5 437.5 0.52 5200 0.47 1.3 81 12 1 60 2 82 0.01 20.9 21 0.01
KL28-08 437.5 440.5 0.28 2800 0.24 0.7 116 17 0.01 57 0.01 56 0.01 14.8 19 0.01
KL28-08 440.5 443.5 0.29 2900 0.36 1.1 113 15 0.01 34 1 73 0.01 12.0 12 0.01



Appendix V - 162 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-08 443.5 446.5 0.38 3800 0.39 0.8 153 29 0.01 30 1 57 0.01 16.5 24 0.01
KL28-08 446.5 449.5 0.52 5200 0.51 1.3 161 18 0.01 241 2 51 0.01 8.5 17 0.01
KL28-08 449.5 452 2.26 22600 1.27 14.3 450 144 2 720 1 52 0.6 28.5 22 0.01
KL28-08 452 453.7 1.81 18100 1.05 5.4 6100 42 0.01 145 0.01 34 0.01 12.0 14 0.01
KL28-08 453.7 455.5 0.91 9100 0.73 1.8 159 17 0.01 36 2 38 0.2 11.8 18 0.01
KL28-08 455.5 458.5 2.21 22100 0.45 3.6 141 20 5 110 2 54 0.01 39.5 25 0.01
KL28-08 458.5 461.5 1.18 11800 1.19 1.9 95 21 0.01 114 2 25 0.01 13.5 36 0.01
KL28-08 461.5 462.5 1.6 16000 3.46 2.5 50 9 1 218 5 10 0.01 15.2 114 0.01
KL28-08 462.5 464.5 0.49 4900 0.12 1.3 40 10 3 181 1 8 0.01 6.0 67 0.01
KL28-08 464.5 466.3 1.47 14700 0.65 3.8 125 18 1 219 4 34 0.01 23.5 55 0.01
KL28-08 466.3 468 0.441 4410 0.12 1.8 141 13 12 590 2 17 0.01 9.8 39 0.01
KL28-08 468 470.5 0.66 6600 0.21 2.3 126 17 6 530 0.01 19 0.01 7.3 42 0.01
KL28-08 470.5 473.5 0.82 8200 0.25 2.7 232 15 5 310 1 13 0.01 6.8 50 0.01
KL28-08 473.5 476.5 0.61 6100 0.25 1.8 118 14 2 290 1 14 0.01 11.3 160 0.01
KL28-08 476.5 479.5 0.67 6700 0.35 1.7 178 22 4 190 5 18 0.5 8.3 74 0.01
KL28-08 479.5 482.5 0.52 5200 0.21 1.2 102 10 0.01 199 0.01 23 0.2 6.5 66 0.01
KL28-08 482.5 485.5 0.67 6700 0.33 1.8 248 196 0.01 236 0.01 16 0.01 7.3 83 0.01
KL28-08 485.5 488.5 0.97 9700 0.7 1.9 159 15 1 184 0.01 15 0.01 5.4 86 0.01
KL28-08 488.5 491.5 0.483 4830 0.24 1.8 65 11 0.01 374 0.01 11 0.01 5.0 77 0.01
KL28-08 491.5 494.5 0.98 9800 0.66 2.1 48 10 1 187 1 16 0.01 6.0 75 0.01
KL28-08 494.5 497.5 0.95 9500 0.44 2.5 64 10 2 729 0.01 20 0.2 8.8 81 0.01
KL28-08 497.5 500.5 0.62 6200 0.3 1.4 72 7 0.01 290 0.01 15 0.01 5.5 77 0.01
KL28-08 500.5 503.5 0.73 7300 0.5 1.3 77 9 0.01 168 0.01 17 0.2 4.3 86 0.01
KL28-08 503.5 506.5 1.34 13400 0.81 2.1 235 68 1 259 4 15 0.2 6.5 63 0.01
KL28-08 506.5 509.5 1.67 16700 0.63 3.2 225 69 41 751 1 18 2.3 8.0 57 0.01
KL28-08 509.5 512.5 1.27 12700 0.64 2.5 107 40 0.01 73 1 16 0.01 8.0 83 0.01
KL28-08 512.5 515.5 1.26 12600 0.68 2.5 89 11 0.01 121 0.01 20 0.01 3.5 71 0.01
KL28-08 515.5 518.5 0.97 9700 0.43 2.2 96 8 0.01 91 0.01 18 0.01 5.8 58 0.01
KL28-08 518.5 521.5 0.71 7100 0.57 1.5 64 11 0.01 200 0.01 10 0.01 7.4 53 0.01
KL28-08 521.5 524.5 0.58 5800 0.42 1.7 56 11 2 158 1 10 0.2 5.5 58 0.01
KL28-08 524.5 527.5 0.7 7000 0.45 2.8 73 165 1 261 12 13 0.2 8.0 61 0.01
KL28-08 527.5 530.5 1.05 10500 0.54 2.7 74 18 2 215 1 19 1.1 8.8 59 0.01
KL28-08 530.5 533.5 1.03 10300 0.5 2.9 87 53 18 99 1 16 1.6 6.0 64 0.01
KL28-08 533.5 535 0.36 3600 0.07 1.4 74 41 38 156 1 11 2 7.3 50 0.01
KL28-08 535 536.5 0.33 3300 0.07 1.1 46 24 22 162 1 21 0.6 7.0 63 0.01
KL28-08 536.5 539.5 0.33 3300 0.07 1.5 137 83 37 127 1 15 2.3 7.0 61 0.01
KL28-08 539.5 542.5 0.33 3300 0.07 1.2 226 56 23 124 4 17 2 7.5 54 0.01
KL28-08 542.5 545.5 0.427 4270 0.26 2.2 378 146 2 96 8 21 0.2 10.3 57 0.01
KL28-08 545.5 548.5 0.345 3450 0.2 1.6 136 45 10 59 3 15 0.3 6.7 52 0.01
KL28-08 548.5 551.5 0.085 850 0.07 100 61500 19400 100 18 2970 5 8.8 775.0 62 0.01
KL28-08 551.5 554.5 0.3 3000 0.07 1.2 198 56 2 32 6 9 0.3 9.3 58 0.01
KL28-08 554.5 557.5 0.27 2700 0.12 1 78 129 2 30 2 13 0.3 9.0 72 0.01
KL28-08 557.5 560.5 0.89 8900 0.3 6.7 1400 500 6 28 9 16 0.5 9.3 71 0.01
KL28-08 560.5 563.5 0.8 8000 0.31 4.5 630 315 2 54 3 18 0.3 8.0 63 0.01
KL28-08 563.5 566.5 0.57 5700 0.23 1.7 91 28 2 88 1 22 0.2 8.8 70 0.01
KL28-08 566.5 569.5 0.38 3800 0.23 1.4 71 18 1 50 1 13 0.01 7.3 61 0.01
KL28-08 569.5 571.6 0.404 4040 0.24 1.1 78 25 2 68 1 14 0.01 7.0 68 0.01
KL28-08 571.6 574.7 0.27 2700 0.13 1.3 60 20 2 55 1 13 0.2 6.0 66 0.01
KL28-08 574.7 577.8 0.39 3900 0.23 1.8 84 70 2 43 1 21 0.2 7.8 51 0.01
KL28-08 577.8 580.9 0.32 3200 0.27 2.1 304 121 1 85 18 20 0.01 11.0 69 0.01
KL28-08 580.9 582.7 0.37 3700 0.23 1.2 67 27 2 64 0.01 12 0.01 6.8 73 0.01
KL28-08 582.7 584 0.24 2400 0.22 1.3 72 31 15 21 2 10 0.01 9.3 69 0.01
KL28-08 584 587.1 0.39 3900 0.21 1.5 96 125 6 62 3 12 0.2 9.3 73 0.01
KL28-08 587.1 590.3 0.492 4920 0.24 1.3 59 22 5 85 0.01 10 0.01 6.0 49 0.01
KL28-08 590.3 593.4 0.32 3200 0.23 1.1 47 18 3 218 1 8 0.01 5.1 48 0.01
KL28-08 593.4 596.5 0.487 4870 0.23 1.4 55 16 1 91 0.01 9 0.01 4.2 54 0.01
KL28-08 596.5 598.1 1 10000 0.45 2 83 10 0.01 46 0.01 17 0.01 7.3 61 0.01
KL28-08 598.1 600.4 1.38 13800 0.67 2.4 90 12 0.01 111 0.01 21 0.01 9.0 73 0.01
KL28-08 600.4 602.5 1.95 19500 0.99 3.8 92 28 1 82 3 6 0.01 10.5 143 0.01
KL28-08 602.5 605.5 1.29 12900 0.55 2.6 64 19 0.01 21 1 7 0.01 8.0 133 0.01
KL28-08 605.5 608.5 0.75 7500 0.43 1.3 21 10 0.01 20 1 9 0.01 5.7 185 0.01
KL28-08 608.5 611.5 0.95 9500 0.68 1.6 28 11 0.01 45 2 7 0.01 6.0 121 0.01
KL28-08 611.5 614.5 1.3 13000 0.26 2.3 392 120 4 15 1 7 0.01 6.5 152 0.01



Appendix V - 163 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-08 614.5 617.5 1.33 13300 0.46 3.6 312 100 45 16 2 6 0.3 8.0 84 0.01
KL28-08 617.5 620.5 1.24 12400 0.57 2.5 183 61 13 20 3 5 0.01 7.8 170 0.01
KL28-08 620.5 623.5 1.38 13800 1.09 2.9 23 9 0.01 21 1 10 0.01 6.5 131 0.01
KL28-08 623.5 626.5 1.32 13200 0.55 2.7 70 30 1 28 1 10 0.01 6.5 110 0.01
KL28-08 626.5 629.5 0.8 8000 0.33 2.4 67 23 1 38 0.01 11 0.01 4.8 115 0.01
KL28-08 629.5 632.5 0.59 5900 0.27 2 35 17 0.01 45 0.01 7 0.01 4.8 120 0.01
KL28-08 632.5 635.5 0.74 7400 0.23 1.6 54 32 3 23 1 8 0.01 4.0 125 0.01
KL28-08 635.5 638.5 1.12 11200 0.44 3 2330 298 1680 14 5 6 65 5.5 89 0.27
KL28-08 638.5 641.5 0.85 8500 0.71 2.1 66 15 3 185 1 7 0.2 5.0 143 0.01
KL28-08 641.5 644.4 0.45 4500 0.17 1.2 44 11 1 43 0.01 2 0.01 4.3 120 0.01
KL28-08 644.4 647.5 0.22 2200 0.09 1 51 16 2 38 0.01 2 0.01 1.8 177 0.01
KL28-08 647.5 650.5 0.38 3800 0.15 1.4 32 12 7 7 0.01 4 0.01 3.5 102 0.01
KL28-08 650.5 653.5 0.23 2300 0.18 1.4 37 15 18 26 1 9 0.2 10.4 73 0.01
KL28-08 653.5 656.5 0.36 3600 0.34 1.7 36 10 0.01 50 0.01 10 0.5 1.8 135 0.01
KL28-08 656.5 659.5 0.64 6400 0.35 2.3 64 19 3 20 0.01 7 0.2 5.3 168 0.01
KL28-08 659.5 662.5 0.49 4900 0.33 1.7 76 141 5 10 0.01 6 0.3 5.8 79 0.01
KL28-08 662.5 665.5 0.61 6100 0.34 1.8 39 12 0.01 21 0.01 6 0.01 4.0 195 0.01
KL28-08 665.5 668.5 0.64 6400 0.47 1.8 21 11 0.01 13 0.01 6 0.01 4.3 253 0.01
KL28-08 668.5 671.5 0.38 3800 0.27 1.1 31 6 0.01 22 1 7 0.01 3.3 189 0.01
KL28-08 671.5 674.5 0.489 4890 0.26 1.8 33 13 0.01 28 1 8 0.01 4.5 165 0.01
KL28-08 674.5 677.5 0.465 4650 0.31 1.5 28 19 0.01 40 0.01 7 0.01 3.5 101 0.01
KL28-08 677.5 680.5 0.435 4350 0.29 1.6 39 48 1 14 0.01 7 0.01 3.5 78 0.01
KL28-08 680.5 683.5 0.42 4200 0.21 1.4 77 24 0.01 14 0.01 5 0.01 2.9 107 0.01
KL28-08 683.5 686.5 0.418 4180 0.23 1.6 49 20 0.01 42 0.01 5 0.01 3.5 154 0.01
KL28-08 686.5 689.5 0.31 3100 0.26 1.7 33 7 0.01 27 0.01 4 0.01 1.5 61 0.01
KL28-08 689.5 692.5 0.26 2600 0.13 1.2 38 10 0.01 38 0.01 4 0.01 1.3 82 0.01
KL28-08 692.5 695.5 0.35 3500 0.13 1.4 106 25 24 12 0.01 5 0.5 2.8 80 0.01
KL28-08 695.5 698.5 0.65 6500 0.29 1.3 16 10 1 22 0.01 4 0.01 5.3 82 0.01
KL28-08 698.5 701.5 0.437 4370 0.21 1.2 30 13 2 17 0.01 6 0.2 2.8 145 0.01
KL28-08 701.5 704.5 0.56 5600 0.21 1.1 40 9 1 18 0.01 5 0.01 3.3 111 0.01
KL28-08 704.5 707.5 0.67 6700 0.27 1.7 72 14 150 50 0.01 7 1 3.8 174 0.01
KL28-08 707.5 710.5 0.444 4440 0.2 1.1 53 19 16 26 0.01 5 0.3 3.8 81 0.01
KL28-08 710.5 713.5 0.43 4300 0.17 1.3 27 8 1 18 0.01 5 0.2 1.8 88 0.01
KL28-08 713.5 716.5 0.38 3800 0.19 1.5 32 8 0.01 23 0.01 6 0.2 4.1 170 0.01
KL28-08 716.5 719.5 0.27 2700 0.14 1.2 28 8 1 14 0.01 5 0.2 2.5 160 0.01
KL28-08 719.5 722.5 0.68 6800 0.37 1.8 38 12 1 22 0.01 6 0.3 5.0 142 0.01
KL28-08 722.5 725.5 0.23 2300 0.09 0.6 29 9 0.01 33 0.01 5 0.2 4.0 149 0.01
KL28-08 725.5 728.5 0.325 3250 0.14 1.1 38 11 1 15 1 7 0.01 2.8 105 0.01
KL28-08 728.5 731.5 0.24 2400 0.16 0.7 26 12 0.01 54 0.01 6 0.2 3.3 143 0.01
KL28-08 731.5 734.5 0.37 3700 0.2 1.3 34 11 0.01 36 0.01 14 0.01 4.6 181 0.01
KL28-08 734.5 737.5 0.91 9100 0.35 2.1 38 10 1 23 1 24 0.2 5.3 135 0.01
KL28-08 737.5 740.5 0.69 6900 0.29 1.1 39 12 3 22 0.01 23 0.01 4.0 130 0.01
KL28-08 740.5 743.5 0.27 2700 0.12 0.8 48 81 16 40 0.01 12 0.9 2.5 105 0.01
KL28-08 743.5 746.5 0.464 4640 0.32 1 45 54 3 13 0.01 9 0.01 3.0 137 0.01
KL28-08 746.5 749.5 0.64 6400 0.32 1.4 36 14 0.01 26 0.01 11 0.2 4.3 137 0.01
KL28-08 749.5 752.5 0.61 6100 0.37 1.5 82 37 230 27 0.01 7 14 3.8 136 0.26
KL28-08 752.5 755.5 0.68 6800 0.31 4.7 2260 2230 650 12 0.01 9 105 3.8 195 2.16
KL28-08 755.5 758.5 0.78 7800 0.33 1.8 51 20 5 80 0.01 11 0.6 5.0 148 0.01
KL28-08 758.5 761.5 0.66 6600 0.38 1.9 38 20 8 12 0.01 10 0.5 5.3 147 0.01
KL28-08 761.5 764.5 0.56 5600 0.28 1.5 33 17 2 16 0.01 8 0.3 5.0 99 0.01
KL28-08 764.5 767.5 0.44 4400 0.21 1.4 29 12 7 24 0.01 9 0.3 3.8 82 0.01
KL28-08 767.5 770.5 0.245 2450 0.06 0.1 32 9 0.01 20 0.01 7 0.01 3.1 76 0.01
KL28-08 770.5 773.5 0.58 5800 0.2 1.2 25 6 2 22 0.01 4 0.01 4.3 98 0.01
KL28-08 773.5 776.5 0.417 4170 0.2 0.8 27 6 1 12 0.01 7 0.01 3.3 102 0.01
KL28-08 776.5 779.5 0.3 3000 0.16 0.6 26 12 2 19 0.01 6 0.01 2.8 140 0.01
KL28-08 779.5 782.5 0.507 5070 0.34 0.9 31 7 2 26 0.01 8 0.2 4.8 115 0.01
KL28-08 782.5 785.5 0.395 3950 0.26 0.7 43 7 0.01 23 0.01 8 0.2 3.9 85 0.01
KL28-08 785.5 788.5 0.35 3500 0.18 0.9 44 6 1 16 0.01 9 0.01 3.5 102 0.01
KL28-08 788.5 791.5 0.493 4930 0.37 1.1 34 6 1 19 0.01 7 0.01 3.0 98 0.01
KL28-08 791.5 794.5 0.68 6800 0.24 1.3 58 10 3 20 0.01 12 0.3 4.5 125 0.01
KL28-08 794.5 797.5 0.486 4860 0.25 1.1 43 8 1 23 0.01 13 0.01 4.5 131 0.01
KL28-08 797.5 800.5 0.56 5600 0.31 1.4 46 5 1 26 0.01 13 0.01 3.8 175 0.01
KL28-08 800.5 803.5 0.48 4800 0.22 0.8 33 5 1 17 0.01 10 0.01 4.2 115 0.01



Appendix V - 164 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-08 803.5 806.5 0.34 3400 0.18 0.6 35 8 1 17 0.01 12 0.01 3.3 107 0.01
KL28-08 806.5 809.5 0.32 3200 0.14 0.7 41 9 1 21 0.01 13 0.01 3.7 105 0.01
KL28-08 809.5 812.5 0.73 7300 0.37 1.1 46 7 3 24 0.01 14 0.01 4.5 130 0.01
KL28-08 812.5 815.5 0.21 2100 0.08 0.1 50 5 0.01 19 0.01 10 0.01 2.7 132 0.01
KL28-08 815.5 818.5 0.28 2800 0.14 0.1 36 33 12 39 1 10 0.3 1.9 125 0.01
KL28-08 818.5 821.5 0.28 2800 0.16 0.6 242 112 280 21 0.01 9 6.8 2.8 153 0.01
KL28-08 821.5 824.5 0.56 5600 0.28 1 53 117 10 20 0.01 14 0.5 4.8 111 0.01
KL28-08 824.5 827.5 0.26 2600 0.1 0.5 34 10 1 27 0.01 9 0.01 3.2 102 0.01
KL28-08 827.5 830.5 0.28 2800 0.08 0.5 30 6 1 34 0.01 8 0.01 3.0 109 0.01
KL28-08 830.5 833.5 0.28 2800 0.12 0.1 33 5 1 15 0.01 9 0.2 3.4 111 0.01
KL28-08 833.5 836.5 0.179 1790 0.05 2.8 299 4000 40 16 0.01 6 22 2.0 100 0.11
KL28-08 836.5 839.5 0.27 2700 0.08 0.1 38 19 1 9 0.01 8 0.01 2.8 123 0.01
KL28-08 839.5 842.5 0.24 2400 0.08 0.1 23 11 3 8 0.01 6 0.01 2.6 125 0.01
KL28-08 842.5 845.5 0.29 2900 0.09 0.1 34 47 11 12 0.01 8 0.3 2.9 119 0.01
KL28-08 845.5 848.5 0.184 1840 0.06 0.1 24 13 2 26 0.01 9 0.01 2.1 212 0.01
KL28-08 848.5 851.5 0.389 3890 0.16 0.9 28 13 5 30 0.01 9 0.4 3.6 146 0.01
KL28-08 851.5 854.5 0.394 3940 0.33 5.2 142 740 380 12 0.01 9 36 2.9 213 0.12
KL28-08 854.5 857.5 0.55 5500 0.3 1.5 51 12 5 16 1 8 0.2 3.8 125 0.01
KL28-08 857.5 860.5 0.27 2700 0.17 0.6 36 30 5 19 0.01 8 3.5 2.6 94 0.01
KL28-08 860.5 863.5 0.26 2600 0.12 0.8 40 6 1 20 0.01 8 0.01 2.9 115 0.01
KL28-08 863.5 866.5 0.37 3700 0.18 1 30 10 3 27 0.01 11 0.4 2.7 76 0.01
KL28-08 866.5 869.5 0.26 2600 0.07 0.6 26 12 2 29 0.01 8 0.01 2.7 116 0.01
KL28-08 869.5 872.5 0.25 2500 0.08 0.7 35 8 2 26 0.01 8 0.01 3.0 91 0.01
KL28-08 872.5 875.5 0.164 1640 0.06 0.5 26 9 0.01 13 0.01 7 0.01 2.5 71 0.01
KL28-08 875.5 878.5 0.22 2200 0.07 0.6 33 5 0.01 22 0.01 11 0.01 3.4 100 0.01
KL28-08 878.5 881.5 0.199 1990 0.05 0.8 34 6 2 39 0.01 10 0.01 2.8 103 0.01
KL28-08 881.5 884.5 0.24 2400 0.06 0.6 29 5 1 23 0.01 8 0.3 3.3 83 0.01
KL28-08 884.5 887.5 0.22 2200 0.08 0.5 31 6 0.01 22 0.01 7 0.01 2.4 88 0.01
KL28-08 887.5 890.5 0.48 4800 0.14 1.1 35 6 2 18 0.01 7 0.01 3.6 90 0.01
KL28-08 890.5 893.5 0.43 4300 0.09 1.1 34 7 2 20 0.01 8 0.2 2.7 95 0.01
KL28-08 893.5 896.5 0.31 3100 0.13 1.2 40 6 1 22 1 8 0.01 3.8 121 0.01
KL28-08 896.5 899.5 0.38 3800 0.12 1 34 1 0.01 25 0.01 9 0.01 3.3 123 0.01
KL28-08 899.5 902.5 0.431 4310 0.18 0.9 51 6 0.01 26 0.01 10 0.01 4.4 76 0.01
KL28-08 902.5 905.5 0.44 4400 0.13 0.9 34 1 0.01 16 0.01 10 0.01 4.0 122 0.01
KL28-08 905.5 908.5 0.34 3400 0.11 1 29 5 0.01 24 0.01 11 0.01 3.5 97 0.01
KL28-08 908.5 911.5 0.26 2600 0.07 0.8 32 7 0.01 39 0.01 8 0.01 2.8 87 0.01
KL28-08 911.5 914.5 0.29 2900 0.11 1 42 5 2 12 1 8 0.01 3.7 111 0.01
KL28-08 914.5 917.5 0.38 3800 0.17 1.1 43 7 2 20 1 11 0.2 3.3 83 0.01
KL28-08 917.5 920.5 0.32 3200 0.15 1 39 5 2 16 0.01 14 0.01 3.8 91 0.01
KL28-08 920.5 923.5 0.25 2500 0.08 0.8 33 1 1 13 0.01 11 0.2 3.2 93 0.01
KL28-08 923.5 926.5 0.22 2200 0.07 0.6 42 8 0.01 13 0.01 7 0.01 3.1 87 0.01
KL28-08 926.5 929.5 0.26 2600 0.07 0.6 39 20 0.01 16 0.01 6 0.01 2.0 123 0.01
KL28-08 929.5 932.5 0.31 3100 0.76 0.9 37 26 1 20 1 7 0.2 2.2 141 0.01
KL28-08 932.5 935.5 0.41 4100 0.3 1.1 31 16 4 15 3 8 0.3 2.5 138 0.01
KL28-08 935.5 938.5 0.58 5800 0.33 1.7 48 6 0.01 12 4 12 0.01 5.0 204 0.01
KL28-08 938.5 941.5 0.45 4500 0.3 1.2 50 9 2 6 1 15 0.01 3.8 241 0.01
KL28-08 941.5 944.5 0.75 7500 0.51 1.8 36 7 3 7 2 16 0.01 5.9 196 0.01
KL28-08 944.5 947.5 0.3 3000 0.12 8.1 148 1510 130 35 2 10 36 2.3 87 0.73
KL28-08 947.5 950.5 0.32 3200 0.08 1.2 35 90 12 24 0.01 7 5.5 2.3 191 0.01
KL28-08 950.5 952.8 0.33 3300 0.08 3.4 64 213 33 26 0.01 6 16.8 1.7 97 0.34
KL28-08 952.8 955.8 0.38 3800 0.07 1.1 30 9 15 42 0.01 7 2.3 2.5 136 0.01
KL28-08 955.8 958.9 0.3 3000 0.06 0.6 23 8 8 31 0.01 12 0.2 2.7 135 0.01
KL28-08 958.9 962 0.29 2900 0.06 0.8 20 15 2 48 0.01 10 0.01 2.6 103 0.01
KL28-08 962 965.1 0.31 3100 0.05 0.6 21 7 0.01 35 0.01 11 0.01 2.1 130 0.01
KL28-08 965.1 968.2 0.36 3600 0.08 1 33 12 1 49 0.01 9 0.01 2.0 121 0.01
KL28-08 968.2 971.3 0.36 3600 0.09 1 33 8 1 32 0.01 9 0.01 2.7 106 0.01
KL28-08 971.3 974.4 0.28 2800 0.1 0.8 30 8 0.01 31 0.01 8 0.01 2.5 127 0.01
KL28-08 974.4 977.5 0.59 5900 0.22 1.8 36 10 2 28 1 8 0.01 3.3 130 0.01
KL28-08 977.5 980.5 0.376 3760 0.08 0.9 26 6 1 71 0.01 10 0.01 2.5 148 0.01
KL28-08 980.5 983.5 0.26 2600 0.06 0.8 25 5 1 30 0.01 10 0.01 2.8 129 0.01
KL28-08 983.5 986.5 0.3 3000 0.05 0.9 33 5 0.01 49 0.01 13 0.01 3.1 104 0.01
KL28-08 986.5 988.7 0.28 2800 0.04 0.8 24 6 1 31 0.01 13 0.01 3.0 141 0.01
KL28-08 988.7 991.7 0.27 2700 0.05 0.6 22 6 1 38 0.01 11 0.01 2.9 106 0.01



Appendix V - 165 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-08 991.7 994.8 0.354 3540 0.08 0.7 21 5 1 22 0.01 7 0.01 2.0 95 0.01
KL28-08 994.8 997.9 0.5 5000 0.16 0.9 29 10 0.01 46 0.01 8 0.01 3.3 78 0.01
KL28-08 997.9 1001 0.23 2300 0.08 0.5 22 11 3 39 1 15 0.01 4.1 112 0.01
KL28-08 1001 1004.1 0.292 2920 0.07 0.8 26 10 0.01 64 0.01 11 0.01 2.8 95 0.01
KL28-08 1004.1 1007.2 0.355 3550 0.06 0.9 26 6 0.01 40 0.01 9 0.01 2.7 79 0.01
KL28-08 1007.2 1010.3 0.3 3000 0.07 0.9 23 5 0.01 49 0.01 9 0.01 2.6 82 0.01
KL28-08 1010.3 1013.5 0.367 3670 0.08 0.9 26 6 0.01 52 0.01 11 0.01 2.5 87 0.01
KL28-08 1013.5 1015.3 0.517 5170 0.09 1.2 25 7 1 82 2 10 0.01 3.0 83 0.01
KL28-08 1015.3 1018.4 0.29 2900 0.08 1.2 30 8 3 40 0.01 10 0.01 2.5 73 0.01
KL28-08 1018.4 1021.5 0.3 3000 0.07 0.1 37 7 2 58 0.01 7 0.01 2.3 78 0.01
KL28-08 1021.5 1024 0.29 2900 0.09 0.1 35 8 3 52 0.01 9 0.01 2.5 80 0.01
KL28-09 0 3.2 0.0012 12 0.01 3.6 1050 3400 10 3 0.01 1 6.1 4.8 14 0.01
KL28-09 3.2 6.2 0.0013 13 0.03 2.5 470 1920 30 2 0.01 1 3.5 3.5 13 0.01
KL28-09 6.2 9.2 0.0037 37 0.02 6.3 1140 4000 32 3 0.01 1 9 6.5 14 0.01
KL28-09 9.2 12.2 0.0014 14 0.01 2.4 690 1220 17 2 2 1 2.4 5.3 14 0.01
KL28-09 12.2 15.2 0.0009 9 0.01 1 500 540 7 3 0.01 1 1.4 1.8 17 0.01
KL28-09 15.2 18.2 0.0014 14 0.01 1.8 660 650 8 3 0.01 1 2.4 4.0 17 0.01
KL28-09 18.2 21.2 0.0011 11 0.01 1.7 700 840 7 2 0.01 1 2.7 3.0 15 0.01
KL28-09 21.2 24.2 0.0015 15 0.01 2.2 1220 1710 11 2 1 1 3.4 5.3 17 0.01
KL28-09 24.2 26.7 0.003 30 0.01 3.5 1660 2040 14 1 4 1 3.5 4.5 19 0.01
KL28-09 26.7 29.7 0.0015 15 0.01 2.5 1150 1160 13 1 3 3 2.2 5.8 19 0.01
KL28-09 29.7 32.7 0.0029 29 0.08 5.9 2690 6100 33 3 0.01 1 7.1 10.2 13 0.01
KL28-09 32.7 35.7 0.0014 14 0.01 1.5 770 780 16 2 0.01 2 2.3 3.1 15 0.01
KL28-09 35.7 38.7 0.0011 11 0.01 1.6 710 1210 14 4 0.01 1 2 2.5 14 0.01
KL28-09 38.7 40.7 0.0025 25 0.01 2.7 1580 1910 19 3 0.01 1 3.8 8.8 13 0.01
KL28-09 40.7 42.7 0.0123 123 0.01 18 7300 9800 44 4 0.01 1 67 12.5 15 0.01
KL28-09 42.7 45.2 0.0072 72 0.01 8.8 9000 9200 34 4 1 1 13.5 14.0 16 0.01
KL28-09 45.2 48.2 0.0036 36 0.01 5.2 2580 4480 21 4 2 1 7 9.8 20 0.01
KL28-09 48.2 51.2 0.0042 42 0.09 3.9 1610 1660 90 3 1 1 6.3 9.0 16 0.01
KL28-09 51.2 54.2 0.0036 36 0.03 3.4 3320 2360 41 3 1 1 4.4 12.0 15 0.01
KL28-09 54.2 57.2 0.0026 26 0.01 0.6 340 367 6 1 0.01 1 1.1 3.5 17 0.01
KL28-09 57.2 60.2 0.0015 15 0.01 1.6 890 1160 6 2 0.01 1 2.3 6.1 16 0.01
KL28-09 60.2 63.2 0.0058 58 0.01 2 1820 1690 11 3 1 1 2.6 7.8 23 0.01
KL28-09 63.2 66.2 0.0029 29 0.01 1.2 1200 1040 10 3 0.01 1 1.7 4.8 15 0.01
KL28-09 66.2 69.2 0.0036 36 0.01 1 1590 710 10 2 0.01 1 1.8 1.5 12 0.01
KL28-09 69.2 72.2 0.0021 21 0.02 1.1 1320 790 7 3 0.01 1 1.8 3.5 18 0.01
KL28-09 72.2 75.2 0.0074 74 0.02 6.7 5200 6400 29 10 6 1 8.8 10.3 19 0.01
KL28-09 75.2 78.2 0.0068 68 0.01 2.1 1680 1420 10 5 2 1 2.4 4.5 18 0.01
KL28-09 78.2 81.2 0.0034 34 0.01 2.9 3630 1980 15 4 3 1 3 6.5 20 0.01
KL28-09 81.2 84.2 0.0037 37 0.01 4.8 2970 2980 15 6 7 1 3.9 7.4 16 0.01
KL28-09 84.2 87.2 0.0026 26 0.01 3.8 1490 1050 16 12 13 1 1.3 10.8 14 0.01
KL28-09 87.2 90.2 0.0039 39 0.01 6.2 3170 1720 17 11 20 1 2.4 3.8 20 0.01
KL28-09 90.2 93.2 0.005 50 0.01 3.8 2060 1170 22 8 16 1 2 8.8 27 0.01
KL28-09 93.2 96.2 0.0045 45 0.01 3.6 2550 1270 13 6 8 1 1 7.3 18 0.01
KL28-09 96.2 99.2 0.0074 74 0.01 3.8 7100 1950 35 7 10 1 3.2 10.3 16 0.01
KL28-09 99.2 102.2 0.0111 111 0.01 3.7 2850 1380 39 8 12 1 5.2 4.3 18 0.01
KL28-09 102.2 105.2 0.0062 62 0.01 2.4 1740 1020 26 8 6 1 4.5 4.8 23 0.01
KL28-09 105.2 108.2 0.0038 38 0.01 2.2 2100 830 26 7 5 1 2.8 2.8 21 0.01
KL28-09 108.2 111.2 0.0104 104 0.01 4 4480 1630 32 16 13 1 3.3 5.3 23 0.01
KL28-09 111.2 114.2 0.0281 281 0.04 3.5 4800 2120 52 12 10 2 3.4 8.3 19 0.01
KL28-09 114.2 117.2 0.054 540 0.11 5.7 7700 2400 120 11 23 10 2.4 19.0 36 0.01
KL28-09 117.2 120.2 0.185 1850 0.15 4.8 3170 2500 120 10 12 28 3.9 27.7 49 0.01
KL28-09 120.2 123.2 0.047 470 0.13 1.1 1020 347 120 3 17 25 2.2 14.5 37 0.01
KL28-09 123.2 126.2 0.066 660 0.14 2.2 740 142 110 1 7 12 2.1 13.8 36 0.01
KL28-09 126.2 129.2 0.052 520 0.05 1.3 262 271 81 64 7 12 3.1 15.3 37 0.01
KL28-09 129.2 132.2 0.195 1950 0.13 1 258 260 74 7 2 12 2.5 10.6 48 0.01
KL28-09 132.2 135.2 0.072 720 0.17 1.2 295 294 37 6 31 7 2.1 15.0 46 0.01
KL28-09 135.2 138.2 0.0154 154 0.08 0.8 120 103 91 245 7 12 1.2 40.5 29 0.01
KL28-09 138.2 141.2 0.055 550 0.12 0.9 4280 78 45 60 7 23 2.5 18.5 47 0.01
KL28-09 141.2 144.2 0.056 560 0.11 1.7 1600 342 65 33 16 10 2.1 10.0 35 0.01
KL28-09 144.2 147.2 0.102 1020 0.47 9.6 1130 1550 47 3 43 7 2.2 15.3 40 0.01
KL28-09 147.2 150.2 0.037 370 0.14 2.3 1430 510 41 9 30 4 1.8 12.3 35 0.01
KL28-09 150.2 153.2 0.015 150 0.04 1 520 304 30 6 9 2 1.2 11.0 21 0.01



Appendix V - 166 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-09 153.2 155.2 0.0116 116 0.04 1.4 550 352 28 8 12 1 1.9 5.5 25 0.01
KL28-09 155.2 156.2 0.54 5400 0.43 27 9000 3300 53 14 72 3 6.6 55.0 54 0.01
KL28-09 156.2 159.2 0.82 8200 1.67 33.5 9300 2900 65 21 108 6 2.4 84.0 73 0.01
KL28-09 159.2 162.2 0.043 430 0.04 2.9 1580 1330 34 35 35 3 5.5 8.3 34 0.01
KL28-09 162.2 165.2 0.0319 319 0.12 4.5 7200 5000 50 15 22 1 3.6 15.7 34 0.01
KL28-09 165.2 168.2 0.23 2300 0.36 3.1 331 420 41 82 30 9 5.1 44.0 187 0.01
KL28-09 168.2 171.2 0.177 1770 0.17 2.2 620 420 40 71 8 12 5 12.8 126 0.01
KL28-09 171.2 172.8 0.44 4400 0.16 2.5 148 73 32 189 7 27 3.4 13.3 137 0.01
KL28-09 172.8 174.8 0.208 2080 0.15 1.4 206 316 8 161 7 15 1.5 16.8 169 0.01
KL28-09 174.8 176.7 0.98 9800 0.28 4.7 126 235 38 970 7 18 4 73.0 74 0.01
KL28-09 176.7 179.7 0.8 8000 0.52 6.7 500 343 43 376 8 33 3.4 48.0 200 0.01
KL28-09 179.7 182.7 0.4 4000 0.11 4 198 332 11 29 4 13 1.8 19.8 165 0.01
KL28-09 182.7 185.7 0.26 2600 0.65 1 1230 27 10 60 5 13 0.5 14.0 64 0.01
KL28-09 185.7 188.7 0.059 590 0.02 1.9 242 97 19 156 4 5 1.4 12.3 38 0.01
KL28-09 188.7 190.7 0.149 1490 0.02 2.2 241 137 15 124 5 6 1.4 11.3 44 0.01
KL28-09 190.7 192.8 0.15 1500 0.06 2 242 100 31 13 10 3 0.3 12.3 48 0.01
KL28-09 192.8 195.2 0.099 990 0.21 4.1 295 250 33 1970 30 7 1.1 17.4 51 0.01
KL28-09 195.2 198.2 0.73 7300 0.27 11.2 126 145 41 580 8 38 0.2 34.5 34 0.01
KL28-09 198.2 201.2 1.77 17700 0.9 21.1 234 244 35 520 10 93 0.8 59.0 64 0.01
KL28-09 201.2 204.2 0.89 8900 1.03 13.5 2100 273 36 66 160 40 1.6 36.5 51 0.01
KL28-09 204.2 206.6 1.49 14900 1.72 42.8 11500 1210 48 350 102 88 26.2 39.0 130 0.01
KL28-09 206.6 208 0.5 5000 2.52 38.3 21300 5100 22 85 142 30 25.2 42.0 123 0.01
KL28-09 208 210.2 0.05 500 0.11 1.9 1850 730 9 45 5 5 1 5.5 31 0.01
KL28-09 210.2 213.2 0.0258 258 0.04 3.8 5200 2560 15 66 19 3 1.2 16.0 39 0.01
KL28-09 213.2 216.2 0.025 250 0.04 3.1 9700 1420 16 19 30 2 1.4 12.0 33 0.01
KL28-09 216.2 219.2 0.234 2340 0.08 9.7 4200 2540 13 49 15 3 3.4 13.5 30 0.01
KL28-09 219.2 222.2 0.0095 95 0.03 1.6 1560 450 3 19 5 1 0.2 5.3 32 0.01
KL28-09 222.2 225.2 0.0047 47 0.01 1.4 520 500 4 20 3 2 0.9 1.6 25 0.01
KL28-09 225.2 226.7 0.0032 32 0.01 1.6 338 520 2 10 4 1 0.01 1.3 26 0.01
KL28-09 226.7 229.7 0.026 260 0.05 4.5 8000 1040 18 290 19 3 2.1 9.5 41 0.01
KL28-09 229.7 232.7 0.0071 71 0.01 2.8 960 1050 5 9 6 1 0.2 5.5 31 0.01
KL28-09 232.7 235.7 0.0083 83 0.01 2.1 580 1390 5 45 5 1 0.4 10.5 28 0.01
KL28-09 235.7 237.7 0.018 180 0.3 9.3 4800 9100 11 22 6 1 1.8 58.0 22 0.01
KL28-09 237.7 239.8 0.0085 85 0.01 1.1 1010 490 4 15 2 1 0.01 3.3 16 0.01
KL28-09 239.8 242.2 0.0371 371 0.04 1.2 1580 640 14 18 5 1 1 9.8 19 0.01
KL28-09 242.2 245.2 0.107 1070 0.04 5.1 2080 3220 7 19 23 1 2.5 28.5 18 0.01
KL28-09 245.2 248.2 0.0074 74 0.03 1.9 600 830 4 12 4 1 0.2 6.0 18 0.01
KL28-09 248.2 251.2 0.0168 168 0.03 1.4 1140 620 5 15 3 1 0.5 4.3 19 0.01
KL28-09 251.2 254.2 0.0129 129 0.03 1 329 300 7 17 3 1 0.3 3.8 14 0.01
KL28-09 254.2 256.5 1.33 13300 3.89 1.9 338 53 2 2 3 21 0.2 21.5 35 0.01
KL28-09 256.5 258.2 0.0214 214 0.06 10.1 3900 3290 10 36 26 1 0.8 21.4 24 0.01
KL28-09 258.2 261.2 0.0065 65 0.01 0.8 372 407 4 21 2 1 0.01 4.3 27 0.01
KL28-09 261.2 263.7 0.0091 91 0.05 3.7 740 1050 6 27 20 1 0.4 12.5 24 0.01
KL28-09 263.7 266.7 0.0086 86 0.28 1.9 1060 327 3 18 18 1 0.01 5.3 21 0.01
KL28-09 266.7 269.7 0.0294 294 0.04 0.1 1480 44 6 6 1 1 0.01 2.5 21 0.01
KL28-09 269.7 272.7 0.0217 217 0.03 0.6 3060 101 7 5 3 1 0.4 4.5 18 0.01
KL28-09 272.7 275.7 0.26 2600 0.2 1.9 21200 220 10 5 4 6 10.1 36.0 23 0.01
KL28-09 275.7 278.7 0.0371 371 0.08 1.7 5800 560 9 4 12 1 3.1 10.8 15 0.01
KL28-09 278.7 280.2 0.0113 113 0.03 1.4 2460 460 17 5 3 1 0.8 6.5 19 0.01
KL28-09 280.2 282.2 0.0302 302 0.06 1 2360 610 13 21 5 1 0.5 5.3 20 0.01
KL28-09 282.2 285.2 0.24 2400 0.31 2.9 2190 318 11 4 8 4 0.7 11.3 22 0.01
KL28-09 285.2 288.2 0.495 4950 0.71 22.5 71000 6560 27 190 20 15 1.4 88.0 24 0.39
KL28-09 288.2 291.2 0.126 1260 0.2 2.5 6800 740 59 9 11 7 1.2 8.5 24 0.01
KL28-09 291.2 294.2 0.476 4760 0.5 3.7 1630 267 16 6 22 3 1.1 10.8 19 0.01
KL28-09 294.2 297.2 0.0156 156 0.06 0.6 1880 710 13 6 8 1 0.5 8.8 20 0.01
KL28-09 297.2 300.2 0.0257 257 0.04 1.1 590 382 8 6 8 1 0.01 7.3 19 0.01
KL28-09 300.2 302.6 0.0153 153 0.03 0.1 421 57 12 2 1 1 0.01 2.0 23 0.01
KL28-09 302.6 304.3 2.19 21900 3.11 4 24600 14 2 6 16 40 2.9 30.0 33 0.01
KL28-09 304.3 306.2 0.0097 97 0.05 5 770 840 5 6 22 1 0.01 10.3 15 0.01
KL28-09 306.2 309.2 0.468 4680 1.36 1.3 376 24 3 7 12 16 0.01 10.8 34 0.01
KL28-09 309.2 312.2 0.57 5700 0.13 5.7 113 76 31 46 3 31 0.6 34.8 234 0.01
KL28-09 312.2 315.2 0.077 770 0.38 0.1 87 21 13 186 4 3 0.01 4.8 73 0.01
KL28-09 315.2 318.2 0.125 1250 0.42 0.7 48 25 37 318 6 2 0.01 4.8 75 0.01



Appendix V - 167 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL28-09 318.2 321.2 0.22 2200 0.55 0.6 50 19 15 750 5 4 0.01 8.0 80 0.01
KL28-09 321.2 324.2 0.479 4790 0.79 1 365 27 24 68 13 6 0.01 10.5 86 0.01
KL28-09 324.2 327.2 1.19 11900 1.25 1.6 840 18 8 29 3 21 0.01 26.5 24 0.01
KL28-09 327.2 330.2 0.402 4020 0.56 0.6 97 16 4 20 4 12 0.01 12.5 45 0.01
KL28-09 330.2 333.2 0.275 2750 0.35 0.1 54 13 5 560 2 3 0.01 9.3 19 0.01
KL28-09 333.2 336.2 0.61 6100 0.61 0.8 210 11 7 590 2 24 0.01 31.2 19 0.01
KL28-09 336.2 339.2 0.368 3680 0.49 0.6 86 13 14 500 8 6 0.01 11.0 33 0.01
KL28-09 339.2 342.2 0.24 2400 0.42 0.1 82 10 11 129 2 2 0.01 8.6 30 0.01
KL28-09 342.2 345.2 1.3 13000 0.98 1.9 123 16 4 16 5 4 0.01 28.0 21 0.01
KL28-09 345.2 348.2 0.194 1940 0.31 0.9 57 10 7 38 2 4 0.01 10.0 18 0.01
KL28-09 348.2 351.2 0.156 1560 0.19 0.7 37 9 16 97 1 4 0.01 7.0 25 0.01
KL28-09 351.2 354.2 0.51 5100 0.73 0.1 138 11 12 12 3 9 0.01 11.5 35 0.01
KL28-09 354.2 357.2 0.72 7200 0.89 0.8 95 15 8 17 6 14 0.01 21.5 30 0.01
KL28-09 357.2 360.2 0.391 3910 0.97 0.1 54 8 15 18 2 4 0.01 7.6 29 0.01
KL28-09 360.2 363.2 0.23 2300 0.48 1 216 17 16 29 4 9 0.01 16.5 27 0.01
KL28-09 363.2 366.2 0.356 3560 0.83 0.6 226 11 2 43 5 25 0.01 11.3 20 0.01
KL28-09 366.2 369.2 0.415 4150 0.67 1.3 71 17 33 40 6 4 0.01 6.5 52 0.01
KL28-09 369.2 372.2 0.299 2990 0.54 0.8 42 11 37 21 4 4 0.01 6.8 33 0.01
KL28-09 372.2 375.2 0.22 2200 0.46 0.8 101 13 19 500 4 6 0.01 7.0 74 0.01
KL28-09 375.2 378.2 0.33 3300 2.64 1.2 13600 17 21 430 74 17 0.01 23.0 63 0.01
KL28-09 378.2 381.2 3.35 33500 3 4.3 930 16 4 7 6 14 0.01 21.0 80 0.12
KL28-09 381.2 384.2 2.04 20400 2.62 2.6 1220 10 4 17 4 17 0.01 27.0 40 0.01
KL28-09 384.2 387.2 0.45 4500 1 0.6 162 8 1 3 2 17 0.01 7.5 20 0.01
KL28-09 387.2 390.2 0.93 9300 2.33 1.4 163 7 1 2 2 22 0.01 8.0 20 0.01
KL28-09 390.2 393.2 3.38 33800 4.06 3.2 271 9 0.01 4 1 21 0.01 34.0 26 0.01
KL28-09 393.2 396.2 2.81 28100 4.55 5.4 2700 17 1 3 7 20 0.01 32.0 22 0.01
KL28-09 396.2 399.2 0.74 7400 1.05 1.3 14000 24 1 6 4 16 0.01 18.0 17 0.01
KL28-09 399.2 402.2 0.451 4510 0.42 0.8 740 22 2 3 5 21 0.01 9.0 26 0.01
KL28-09 402.2 405.2 2.13 21300 1.95 3.9 520 21 1 7 4 25 0.01 20.0 28 0.01
KL28-09 405.2 408.2 1.52 15200 1.32 6.2 15200 19 3 45 5 21 0.01 20.0 56 0.01
KL28-09 408.2 411.2 0.83 8300 1.8 26.9 25300 800 16 14 51 13 0.01 35.5 38 0.01
KL28-09 411.2 414.2 0.386 3860 1.87 5.3 3510 47 28 5 46 5 0.3 28.0 40 0.01
KL28-09 414.2 417.2 0.389 3890 1.23 1.7 3420 18 6 5 22 13 0.01 8.6 46 0.01
KL28-09 417.2 420.2 2.94 29400 2.03 3.6 394 11 6 45 1 20 0.01 9.0 62 0.01
KL28-09 420.2 423.2 2.09 20900 1.32 4 287 7 4 7 1 18 0.01 6.0 51 0.01
KL28-09 423.2 426.2 0.72 7200 0.69 1.8 126 9 2 47 1 23 0.01 10.5 47 0.01
KL28-09 426.2 429.2 1.7 17000 1.92 2.9 92 24 7 68 3 13 0.01 19.0 126 0.01
KL28-09 429.2 430.9 0.91 9100 1.41 1.7 30 10 3 74 1 11 0.01 7.3 100 0.01
KL28-09 430.9 432.5 0.69 6900 0.9 1.4 27 7 2 65 2 9 0.01 5.8 87 0.01
KL28-09 432.5 435.2 0.59 5900 0.71 1.5 49 8 1 54 2 6 0.01 5.9 83 0.01
KL28-09 435.2 438.2 0.67 6700 0.44 1.6 30 8 1 114 1 10 0.01 7.0 89 0.01
KL28-09 438.2 441.2 0.73 7300 0.44 1.4 37 6 1 77 0.01 15 0.01 6.5 107 0.01
KL28-09 441.2 444.2 0.465 4650 0.29 1.1 32 6 1 84 0.01 13 0.01 6.3 121 0.01
KL28-09 444.2 447.2 0.86 8600 0.63 1.8 36 7 1 236 1 12 0.01 7.9 122 0.01
KL28-09 447.2 450.2 0.91 9100 0.57 1.8 43 6 1 267 0.01 21 0.01 7.7 79 0.01
KL28-09 450.2 453.2 0.91 9100 0.61 1.9 44 6 1 398 0.01 22 0.01 9.0 78 0.01
KL28-09 453.2 456.2 0.95 9500 0.58 1.8 48 7 1 224 0.01 23 0.01 7.8 119 0.01
KL28-09 456.2 459.2 0.78 7800 0.52 1.3 35 7 2 142 0.01 16 0.01 9.8 146 0.01
KL28-09 459.2 462.2 0.56 5600 0.37 1.1 34 6 0.01 296 0.01 10 0.01 7.8 137 0.01
KL28-09 462.2 465.2 0.74 7400 0.48 1.5 43 6 1 287 0.01 15 0.01 8.0 138 0.01
KL28-09 465.2 468.2 0.473 4730 0.35 1 40 7 1 112 0.01 12 3.6 7.3 108 0.01
KL28-09 468.2 471.2 0.6 6000 0.49 1.5 36 6 1 115 0.01 13 0.01 7.3 119 0.01
KL28-09 471.2 474.2 0.64 6400 0.71 1.2 28 8 1 116 0.01 9 0.01 6.8 107 0.01
KL28-09 474.2 477.2 1.12 11200 1.65 2.1 30 9 1 63 2 10 0.01 10.3 100 0.01
KL28-09 477.2 480.2 0.58 5800 0.35 1.3 41 8 0.01 92 0.01 14 0.01 6.4 80 0.01
KL28-09 480.2 483.2 0.476 4760 0.34 1.3 51 9 1 54 1 12 0.01 6.0 93 0.01
KL28-09 483.2 486.2 0.46 4600 0.29 1.2 56 9 0.01 167 0.01 11 0.01 8.0 114 0.01
KL28-09 486.2 489.2 0.55 5500 0.34 1.3 77 11 1 110 0.01 14 0.01 7.5 93 0.01
KL28-09 489.2 492.2 0.6 6000 0.43 1.5 63 8 0.01 148 0.01 14 0.01 6.3 113 0.01
KL28-09 492.2 495.2 0.365 3650 0.25 0.7 57 11 0.01 40 0.01 9 0.01 5.0 77 0.01
KL28-09 495.2 498.2 0.238 2380 0.15 0.8 45 7 0.01 25 0.01 7 0.01 5.5 78 0.01
KL28-09 498.2 501.2 0.421 4210 0.3 1 44 9 0.01 51 0.01 8 0.01 5.8 110 0.01
KL30-01 0 3 0.0048 48 0.01 0.1 26 19 7 2 0.01 2 0.4 1.3 8 0.01



Appendix V - 168 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-01 3 6 0.0041 41 0.01 0.1 42 20 10 2 0.01 1 0.6 1.5 13 0.01
KL30-01 6 9 0.0034 34 0.01 0.1 121 52 9 2 0.01 1 1.1 1.3 16 0.01
KL30-01 9 12 0.0032 32 0.01 0.8 382 272 11 3 0.01 1 1.7 2.0 16 0.01
KL30-01 12 15 0.0023 23 0.01 0.6 91 55 10 3 0.01 3 1 1.5 19 0.01
KL30-01 15 18 0.0026 26 0.01 1.2 62 260 12 1 0.01 2 1.3 2.5 15 0.01
KL30-01 18 21 0.0034 34 0.01 1.7 101 200 14 3 0.01 1 3.5 2.8 22 0.01
KL30-01 21 24 0.0041 41 0.04 1 101 110 18 6 0.01 1 1.9 2.8 25 0.01
KL30-01 24 27 0.0057 57 0.03 18.6 130 9000 21 39 5 1 17 20.6 25 0.01
KL30-01 27 30 0.0018 18 0.07 3.5 113 1270 12 3 0.01 2 4.2 3.5 17 0.01
KL30-01 30 33 0.0017 17 0.13 2.1 165 480 14 4 0.01 1 6.3 3.0 26 0.01
KL30-01 33 36 0.0016 16 0.14 6.4 182 2230 18 2 0.01 2 7 9.8 33 0.01
KL30-01 36 39 0.0037 37 0.02 1.4 283 530 8 3 0.01 2 1.6 2.0 19 0.01
KL30-01 39 42 0.004 40 0.03 2.3 540 3760 4 3 0.01 2 3.4 5.5 7 0.01
KL30-01 42 45 0.0035 35 0.01 1.2 145 307 13 3 0.01 1 1.7 1.3 34 0.01
KL30-01 45 48 0.004 40 0.01 1.4 200 460 28 4 0.01 1 3.4 1.8 25 0.01
KL30-01 48 51 0.0188 188 0.06 4.7 580 4100 33 11 2 3 10.3 6.5 72 0.01
KL30-01 51 54 0.1 1000 0.1 5.6 480 4300 47 32 1 5 10.1 3.8 133 0.01
KL30-01 54 56.5 0.078 780 0.16 4.1 206 770 240 46 4 6 5.9 5.0 79 0.01
KL30-01 56.5 58.5 0.135 1350 0.19 7.3 260 218 360 26 6 8 8.6 8.0 54 0.01
KL30-01 58.5 61.5 0.031 310 0.1 7.6 2000 570 62 17 32 2 3.1 17.0 33 0.01
KL30-01 61.5 64.5 0.21 2100 0.42 238 1200 8200 680 27 575 7 17.9 331.0 72 0.01
KL30-01 64.5 67.5 0.048 480 0.09 4.4 163 145 110 16 5 1 4.5 1.5 48 0.01
KL30-01 67.5 70.5 0.0338 338 0.09 3.6 347 328 39 21 6 1 5.6 6.0 80 0.01
KL30-01 70.5 73.5 0.016 160 0.08 2 268 240 22 14 2 1 2.3 4.3 47 0.01
KL30-01 73.5 76.5 0.016 160 0.09 1.9 490 670 15 11 1 1 3 2.5 34 0.01
KL30-01 76.5 79.5 0.0163 163 0.06 1.7 700 410 17 11 0.01 1 2.8 2.8 32 0.01
KL30-01 79.5 82.5 0.0122 122 0.02 1.4 173 129 7 13 0.01 1 0.9 1.5 27 0.01
KL30-01 82.5 85.5 0.0146 146 0.04 1.1 130 138 14 7 1 1 3.1 0.9 28 0.01
KL30-01 85.5 88.5 0.0106 106 0.1 0.8 63 326 11 7 0.01 1 3.3 0.0 17 0.01
KL30-01 88.5 91.5 0.0132 132 0.03 1.3 79 190 12 6 2 1 2.6 1.3 9 0.01
KL30-01 91.5 94.5 0.0068 68 0.06 1.1 95 376 14 7 0.01 1 3 0.6 13 0.01
KL30-01 94.5 97.5 0.009 90 0.2 4.1 145 1600 21 13 0.01 1 5.4 3.0 18 0.01
KL30-01 97.5 99 0.0152 152 3.22 29.9 450 9600 260 33 18 25 30 72.5 61 0.01
KL30-01 99 101.6 0.0283 283 0.57 37.4 3600 23000 62 21 16 3 42 10.2 57 0.01
KL30-01 101.6 104.5 0.0026 26 0.22 4 122 540 14 7 3 1 2.3 2.8 37 0.01
KL30-01 104.5 109.5 0.003 30 0.08 1.3 450 165 8 7 0.01 1 0.9 1.5 13 0.01
KL30-01 109.5 113 0.0049 49 0.06 2.3 279 770 6 4 0.01 1 2.2 2.0 11 0.01
KL30-01 113 115.7 0.002 20 0.03 0.6 115 200 3 2 0.01 1 0.5 1.0 14 0.01
KL30-01 115.7 118.5 0.005 50 0.04 3.1 2050 1900 8 4 0.01 1 3.7 4.7 19 0.01
KL30-01 118.5 123 0.0021 21 0.07 0.9 112 187 5 3 0.01 1 0.9 1.3 14 0.01
KL30-01 123 126 0.0016 16 0.04 0.1 76 82 2 4 0.01 1 0.5 0.7 14 0.01
KL30-01 126 130.5 0.0013 13 0.02 0.6 65 70 2 1 0.01 1 0.01 1.5 22 0.01
KL30-01 130.5 133.5 0.06 600 0.05 0.8 189 318 4 1 0.01 3 1.2 1.3 27 0.01
KL30-01 133.5 136.5 0.0017 17 0.06 0.7 460 280 6 1 0.01 1 0.3 1.0 25 0.01
KL30-01 136.5 139.5 0.0248 248 0.1 18.9 10100 13200 36 2 3 1 17.7 8.0 26 0.46
KL30-01 139.5 142.5 0.0175 175 0.06 8.4 5550 6500 18 5 1 1 9.3 6.3 29 0.01
KL30-01 142.5 146.3 0.0134 134 0.06 5.1 8450 3600 16 6 0.01 1 5.6 5.5 24 0.01
KL30-01 146.3 149.2 0.0009 9 0.12 2 610 880 14 9 0.01 1 5.3 1.8 13 0.01
KL30-01 149.2 152.9 0.0049 49 0.05 7.5 1370 4030 16 71 11 1 3.8 6.4 11 0.01
KL30-01 152.9 156 0.006 60 0.03 2.1 1230 1670 11 4 0.01 1 2.9 1.0 15 0.01
KL30-01 156 163.5 0.0159 159 0.05 4.6 750 2160 16 11 0.01 2 5.1 2.0 18 0.01
KL30-01 163.5 169.5 0.0151 151 0.06 8.7 2470 2850 17 7 1 2 9.6 4.8 16 0.01
KL30-01 169.5 175.5 0.0151 151 0.11 60.2 8500 10500 38 62 100 2 11.7 37.8 19 0.22
KL30-01 175.5 181.5 0.0215 215 0.09 30.6 9400 24100 27 22 14 2 27 15.4 18 0.01
KL30-01 181.5 186 0.0122 122 0.07 4.9 3540 2100 20 6 6 1 2.7 5.0 14 0.01
KL30-01 186 190.5 0.0208 208 0.09 5.6 4070 1690 38 11 4 1 9.1 2.5 20 0.01
KL30-01 190.5 193.5 0.0183 183 0.18 4.4 1630 1620 26 11 6 1 3.2 3.0 22 0.27
KL30-01 193.5 196.5 0.062 620 0.77 6.2 3120 1880 140 85 63 4 7.1 9.3 41 0.21
KL30-01 196.5 199.5 0.065 650 0.27 8.6 5400 3890 49 21 14 3 6.2 6.5 28 0.13
KL30-01 199.5 202.5 0.12 1200 0.8 10.6 9000 5400 110 31 36 3 2.6 10.0 25 0.15
KL30-01 202.5 205.3 0.225 2250 0.52 4.3 620 570 220 23 13 3 2.6 13.8 32 0.01
KL30-01 205.3 208.5 0.27 2700 0.76 4.3 450 262 130 11 10 3 1.2 9.7 32 0.01
KL30-01 208.5 211.5 0.77 7700 2.08 8.6 890 400 60 24 10 8 2.5 29.5 56 0.01



Appendix V - 169 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-01 211.5 214.5 0.83 8300 1.14 10.7 2100 460 52 18 15 9 0.9 35.8 48 0.01
KL30-01 214.5 217.5 0.84 8400 1.18 12.1 1650 252 120 150 96 18 3.4 63.0 72 0.01
KL30-01 217.5 220.2 0.82 8200 0.79 3.1 184 134 110 4950 14 20 1.6 25.5 249 0.01
KL30-01 220.2 221.8 0.36 3600 0.61 2.7 288 115 55 1420 36 22 1.2 24.0 216 0.28
KL30-01 221.8 224 0.344 3440 0.48 3 121 67 29 1830 48 12 1.1 14.0 159 0.1
KL30-01 224 226.5 0.72 7200 0.66 8.3 247 73 37 352 90 26 2.2 18.0 58 0.01
KL30-01 226.5 228.7 0.75 7500 0.61 9.5 2290 440 30 281 33 25 1.5 14.0 32 0.01
KL30-01 228.7 230.4 1.04 10400 0.88 5.1 740 275 37 680 7 25 2 14.3 113 0.01
KL30-01 230.4 232.5 0.61 6100 0.86 7 680 234 73 700 8 34 5 40.8 99 0.01
KL30-01 232.5 235.5 2.94 29400 1.39 18.7 3000 193 41 95 6 25 4.4 20.0 34 0.01
KL30-01 235.5 238.5 0.6 6000 1.3 8.6 1900 170 61 99 15 20 4.1 10.7 88 0.01
KL30-01 238.5 241.5 1.18 11800 1.77 14.1 4500 207 64 45 25 20 3.9 19.5 111 0.21
KL30-01 241.5 244.5 0.8 8000 1.13 6.6 900 223 47 201 17 11 6.3 16.5 121 0.01
KL30-01 244.5 247.5 1.55 15500 1.33 9.6 1840 1300 43 242 38 6 6.3 15.0 209 0.25
KL30-01 247.5 250.5 0.78 7800 1.26 8.4 2130 810 57 250 10 36 3.2 42.0 93 0.2
KL30-01 250.5 253.5 1.45 14500 1.76 8.9 1450 382 420 5 6 40 4.4 24.5 75 0.17
KL30-01 253.5 255 0.81 8100 1.3 5.2 1160 290 65 12 8 45 2.5 24.0 70 0.01
KL30-01 255 258 1.76 17600 1.84 6.5 1000 268 53 37 4 49 2.1 29.0 67 0.01
KL30-01 258 261 1.67 16700 1.46 6.7 600 247 16 45 2 32 1.8 15.0 31 0.01
KL30-01 261 264 2.06 20600 1.76 8.6 520 127 14 93 4 36 1.3 28.0 59 0.01
KL30-01 264 267 1.89 18900 2.18 6.8 1710 310 360 23 4 46 6.2 13.0 58 0.01
KL30-01 267 270 1.51 15100 1.33 4.3 820 133 9 13 7 54 1.4 22.0 61 0.01
KL30-01 270 273 3 30000 3.14 7.1 800 73 9 73 2 45 1.7 20.0 52 0.01
KL30-01 273 276 3.16 31600 3.96 6.2 1580 97 16 28 2 61 1.7 23.0 64 0.01
KL30-01 276 279 2.71 27100 2.78 7 2600 54 4 6 5 45 1.4 15.3 28 0.01
KL30-01 279 282 2.27 22700 2.22 8.2 970 40 10 26 7 56 1.1 11.0 61 0.01
KL30-01 282 285 1.88 18800 1.66 7.1 173 26 240 11 7 61 0.9 16.0 133 0.01
KL30-01 285 288 2.34 23400 2.95 7.8 600 43 15 17 5 62 1.3 13.5 93 0.01
KL30-01 288 290.4 2.61 26100 3.68 8.7 1100 45 22 11 5 45 1.9 17.0 83 0.01
KL30-01 290.4 293.4 3.5 35000 3.44 9.8 1570 388 220 30 6 59 1.6 16.5 102 0.01
KL30-01 293.4 296.4 5.01 50100 3.68 15 8300 81 230 195 4 45 1.3 13.0 100 0.01
KL30-01 296.4 298.7 2.26 22600 1.66 4.9 1710 700 860 29 7 46 8.8 36.0 125 0.41
KL30-01 298.7 301.5 2.68 26800 0.58 5.7 720 252 1560 362 1 62 2.2 37.0 201 0.11
KL30-01 301.5 304.5 1.08 10800 0.2 3.3 800 307 1370 1180 0.01 41 2.3 16.0 174 0.24
KL30-01 304.5 307.5 2.56 25600 0.57 6.5 570 317 630 199 0.01 94 1.4 35.0 192 0.18
KL30-01 307.5 310.5 1.18 11800 0.5 2.6 380 157 170 187 0.01 66 0.5 12.3 137 0.27
KL30-01 310.5 313.5 1.46 14600 0.39 3.6 870 530 700 590 0.01 59 1.3 17.5 261 0.38
KL30-01 313.5 316.5 0.6 6000 0.39 1 159 64 43 134 0.01 50 0.01 10.3 93 0.01
KL30-01 316.5 319.5 0.64 6400 0.38 1.6 520 249 130 175 0.01 45 0.01 11.0 141 0.01
KL30-01 319.5 322.5 0.71 7100 0.33 2.2 292 138 170 213 0.01 50 0.7 10.8 147 0.24
KL30-01 322.5 325.5 0.192 1920 0.15 1.3 356 124 210 189 0.01 15 1.9 9.3 126 0.01
KL30-01 325.5 328.5 0.82 8200 0.54 1.5 470 188 47 192 0.01 20 0.8 9.0 175 0.01
KL30-01 328.5 331.5 1.29 12900 0.84 1.8 83 94 170 261 0.01 36 0.5 10.0 195 0.15
KL30-01 331.5 334.5 0.72 7200 0.59 1.5 305 114 60 253 0.01 33 0.01 8.5 160 0.17
KL30-01 334.5 337.5 1.03 10300 0.96 3.2 193 137 210 4500 12 27 1.6 26.0 225 0.11
KL30-01 337.5 340 2.17 21700 0.84 3.7 580 104 13 2510 0.01 32 0.01 11.0 168 0.3
KL30-01 340 343 2.1 21000 0.76 3.2 540 122 18 390 0.01 40 0.3 11.2 184 0.18
KL30-01 343 346.1 1.24 12400 0.79 2 79 70 22 1000 0.01 32 0.01 9.0 153 0.11
KL30-01 346.1 348.5 1.07 10700 0.81 2.3 165 130 21 930 1 37 0.4 11.3 181 0.01
KL30-01 348.5 351 1.23 12300 0.64 2.8 430 110 40 980 0.01 48 0.3 11.5 155 0.18
KL30-01 351 354 2.41 24100 1.24 6.2 251 140 180 1050 0.01 77 0.4 11.0 125 0.13
KL30-01 354 356.5 1.66 16600 1.22 3.6 98 64 38 810 0.01 55 0.4 12.5 123 0.01
KL30-01 356.5 358 1.58 15800 1.29 2.5 60 26 6 610 1 40 0.01 14.0 105 0.01
KL30-01 358 361 5.29 52900 2.07 8.4 118 25 33 2150 3 102 1.3 18.0 112 0.01
KL30-01 361 364 1.99 19900 1.43 3.8 151 34 18 70 5 66 1 17.0 113 0.01
KL30-01 364 366 0.89 8900 1.2 2.7 335 64 29 9 6 65 1.5 13.0 41 0.01
KL30-01 366 369 1.76 17600 1.64 2.8 1000 530 57 181 6 97 2.4 17.0 110 0.01
KL30-01 369 372 1.45 14500 2.17 12.4 8100 70 1350 192 73 42 54 34.0 111 0.01
KL30-01 372 375 3.14 31400 2.43 10.3 2600 2900 68 500 2 60 5.3 17.0 106 0.37
KL30-01 375 378 1.08 10800 1.71 3.4 304 43 19 18 4 313 0.9 19.8 43 0.01
KL30-01 378 381 1.6 16000 1.21 5.8 470 140 290 16 5 116 2.3 25.4 42 0.01
KL30-01 381 384 1.66 16600 1.82 5.6 550 114 45 4 7 110 2.6 30.0 116 0.1
KL30-01 384 387 1.22 12200 1.56 5.5 1050 440 380 7 12 135 2.2 35.5 125 0.16



Appendix V - 170 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-01 387 390 1.44 14400 1.26 3.6 310 48 15 390 3 100 0.5 16.0 61 0.12
KL30-01 390 393 1.12 11200 0.93 4.3 2060 399 73 112 5 53 1.5 13.3 158 0.37
KL30-01 393 396 1.13 11300 0.61 4.6 185 56 73 730 4 51 0.8 12.8 126 0.27
KL30-01 396 399 0.72 7200 0.27 1.4 155 46 42 334 2 32 0.6 10.0 105 0.01
KL30-01 399 402 0.249 2490 1.03 1.7 1060 670 430 165 1 27 3.1 15.0 83 0.7
KL30-01 402 405 0.36 3600 0.32 1.1 500 110 310 202 2 36 3.8 18.3 85 0.19
KL30-01 405 408 0.483 4830 0.18 1 162 44 21 136 2 24 1.1 11.0 64 0.01
KL30-01 408 411 0.49 4900 0.32 0.9 106 48 29 127 2 29 0.7 13.0 50 0.01
KL30-01 411 412.8 0.413 4130 0.34 1 200 58 82 116 2 21 1.1 7.3 68 0.01
KL30-01 412.8 414.9 0.71 7100 0.58 3.2 169 57 33 175 7 23 1.2 7.0 82 0.01
KL30-01 414.9 417 0.86 8600 1.36 9.3 372 85 40 82 26 22 1 6.0 60 0.01
KL30-01 417 420 0.372 3720 0.79 7.1 274 92 64 2220 20 17 0.7 10.5 63 0.01
KL30-01 420 423 0.34 3400 0.44 4 199 37 46 368 19 25 0.2 12.5 48 0.01
KL30-01 423 426 0.78 7800 1.08 10 2650 72 66 28 17 28 0.6 14.8 39 0.01
KL30-01 426 429 1.85 18500 2.04 16.6 1820 200 170 12 12 25 1.6 15.3 56 0.01
KL30-01 429 432 1.41 14100 2.03 7.9 750 103 71 28 10 18 1.2 12.3 57 0.01
KL30-01 432 435 2.86 28600 3.79 19 1510 460 210 7 7 40 2 26.0 47 0.11
KL30-01 435 438 1.76 17600 2.05 16.1 1460 1210 340 16 7 17 2.4 24.0 63 0.33
KL30-01 438 441 2.04 20400 1.71 8.4 421 237 74 110 6 32 1.8 19.5 82 0.12
KL30-01 441 444 2.07 20700 1.99 12.3 1380 2500 340 34 7 49 2.3 24.0 87 0.37
KL30-01 444 447 1.83 18300 1.95 8.6 730 301 38 22 7 42 1.6 29.5 88 0.1
KL30-01 447 450 2.14 21400 1.8 7.8 770 174 36 21 7 51 0.9 22.0 70 0.1
KL30-01 450 453 0.88 8800 0.69 2.8 364 121 60 28 6 49 1.6 16.0 66 0.01
KL30-01 453 456 1.98 19800 0.93 3.2 301 81 34 40 3 36 0.9 19.5 43 0.01
KL30-01 456 459 1.92 19200 0.92 5.3 540 164 31 390 5 42 1.1 19.5 72 0.01
KL30-01 459 462 0.64 6400 0.48 4.1 227 87 38 470 8 24 1.1 16.2 123 0.01
KL30-01 462 465 1.8 18000 0.81 9 670 226 50 29 9 30 1.3 22.0 80 0.01
KL30-01 465 468 0.425 4250 0.33 2.4 660 377 48 35 12 20 2.3 16.8 70 0.01
KL30-01 468 471 0.98 9800 0.91 7.3 630 66 45 42 8 19 1 13.8 63 0.01
KL30-01 471 474 1.31 13100 0.99 7.8 4100 4500 62 20 7 30 2.3 18.3 84 0.01
KL30-01 474 476.7 2.2 22000 1.16 9.4 870 430 79 4 6 36 2.4 25.5 59 0.01
KL30-01 476.7 479.8 1.78 17800 1.39 1.8 2500 420 280 3 5 41 1.2 19.0 48 0.01
KL30-01 479.8 482.9 1.47 14700 1.33 7.8 1000 126 52 3 4 54 2.7 8.3 35 0.01
KL30-01 482.9 486 2.4 24000 1.59 27.1 7100 7500 73 30 36 78 6.4 18.0 47 0.01
KL30-01 486 487.6 4.37 43700 2.68 56 5900 510 200 42 50 113 12 27.0 41 0.01
KL30-01 487.6 489.8 2.67 26700 1.73 38 3700 237 46 20 14 70 10.1 32.0 46 0.01
KL30-01 489.8 491.2 1.21 12100 0.53 5.2 12500 1600 100 207 0.01 30 0.6 16.3 49 0.26
KL30-01 491.2 493.2 0.74 7400 0.8 15.4 2170 105 31 32 18 15 0.5 32.0 50 0.01
KL30-01 493.2 495 1.87 18700 1.23 37.1 1460 110 35 82 42 102 1.3 32.0 49 0.01
KL30-01 495 498 3.23 32300 1.44 61 4100 800 23 11 90 114 4.1 28.5 44 0.01
KL30-01 498 501 2.68 26800 1.37 49 7100 1400 30 6 26 69 2.7 36.0 35 0.01
KL30-01 501 504 2.18 21800 1.73 36 48600 4800 56 4 12 54 1 34.0 43 0.01
KL30-01 504 507 2.48 24800 0.93 33.1 4900 680 310 18 4 65 1.5 25.0 27 0.15
KL30-01 507 510 2.03 20300 1.19 25.5 6500 910 780 62 12 52 4.1 52.5 40 0.36
KL30-01 510 513 3.24 32400 0.84 18.8 5600 550 1170 50 6 46 32 108.0 38 0.51
KL30-01 513 516 2.73 27300 0.87 25.1 2080 910 2100 17 6 38 4.8 33.5 48 0.83
KL30-01 516 519 1.75 17500 0.88 17.9 1100 121 65 13 5 52 0.8 25.8 28 0.01
KL30-01 519 521.6 1.83 18300 0.95 38.8 25700 18000 1510 8 9 18 32 38.0 44 1.09
KL30-01 521.6 523.6 1.88 18800 1.64 23 6100 3200 32 62 6 20 0.9 20.5 25 0.01
KL30-01 523.6 525 2.86 28600 1.15 26.1 570 70 6 30 4 26 0.3 37.0 10 0.01
KL30-01 525 528 3.14 31400 1.28 22.4 1840 342 43 252 2 23 1.5 13.0 17 0.01
KL30-01 528 531 2.93 29300 1.01 9.4 260 75 15 108 1 18 0.4 18.0 15 0.01
KL30-01 531 534 1.94 19400 0.31 3.5 206 43 21 73 0.01 24 0.5 12.5 37 0.01
KL30-01 534 537 1.07 10700 0.28 2.3 560 112 79 178 0.01 28 0.9 9.5 48 0.01
KL30-01 537 540 0.87 8700 0.57 17.1 6000 54 24 66 21 13 1.4 25.5 40 0.01
KL30-01 540 543 1.24 12400 0.48 7.7 3200 770 1370 120 1 17 60 10.3 47 0.7
KL30-01 543 546 1.47 14700 0.38 3 480 82 160 269 0.01 35 2.1 13.0 68 0.01
KL30-01 546 549 0.88 8800 0.59 2.6 205 57 13 51 0.01 19 0.3 10.0 35 0.01
KL30-01 549 552 1.7 17000 0.28 3 600 99 45 89 2 43 0.9 15.5 76 0.13
KL30-01 552 555 0.6 6000 0.3 1.6 161 57 7 28 0.01 42 1 18.1 44 0.01
KL30-01 555 558 0.463 4630 0.14 1.4 47 21 2 54 0.01 20 0.01 11.3 44 0.01
KL30-01 558 561 0.58 5800 0.21 1.6 73 24 7 710 0.01 47 0.3 17.0 34 0.01
KL30-01 561 564 0.44 4400 0.24 1.4 87 13 7 16 0.01 34 0.01 9.3 39 0.01



Appendix V - 171 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-01 564 567 0.123 1230 0.11 0.1 70 14 3 7 0.01 10 0.3 1.4 47 0.01
KL30-01 567 570 1.15 11500 0.44 2.1 106 26 4 48 0.01 41 1.1 14.0 34 0.01
KL30-01 570 573 0.471 4710 0.19 1.4 61 16 6 65 0.01 16 0.01 7.9 50 0.01
KL30-01 573 576 1.35 13500 0.59 2.1 174 28 9 560 0.01 37 0.2 13.5 63 0.01
KL30-01 576 579 0.97 9700 1.28 3.1 47 13 6 99 0.01 28 0.2 23.5 39 0.01
KL30-01 579 582 0.62 6200 0.37 2.2 181 58 8 102 0.01 17 0.6 8.8 44 0.01
KL30-01 582 583.9 0.77 7700 0.53 2.4 260 40 58 161 0.01 30 0.6 14.5 56 0.01
KL30-01 583.9 586.1 0.95 9500 0.39 2.5 369 84 10 258 1 19 0.4 7.8 78 0.01
KL30-01 586.1 587.9 0.94 9400 0.28 2 154 55 8 399 0.01 25 0.7 9.2 69 0.01
KL30-01 587.9 591 1.21 12100 0.17 2.4 161 51 27 590 2 24 1.2 7.8 118 0.26
KL30-01 591 594 0.491 4910 0.15 1.8 221 50 38 2100 1 18 5 8.0 84 0.19
KL30-01 594 596.5 0.378 3780 0.13 1.2 142 82 20 269 0.01 17 0.8 8.5 84 0.01
KL30-01 596.5 599.5 0.78 7800 0.53 1.8 75 28 16 271 1 60 1.1 28.7 46 0.01
KL30-01 599.5 601.2 1.9 19000 0.63 7.8 270 185 24 35 0.01 16 1.6 16.0 10 0.01
KL30-01 601.2 603 1.3 13000 0.67 3.4 75 24 6 290 0.01 37 0.4 29.0 35 0.01
KL30-01 603 606 1.42 14200 0.45 2 97 36 23 302 1 42 1 14.0 43 0.01
KL30-01 606 609 1.24 12400 0.31 2.1 213 60 130 201 1 24 3.1 7.8 53 0.39
KL30-01 609 612 1.21 12100 0.61 4 1020 128 140 214 0.01 32 0.8 9.3 39 1.62
KL30-01 612 615 1 10000 0.87 2.5 660 105 48 89 1 13 4 7.8 43 0.84
KL30-01 615 618 0.57 5700 1.33 4.5 1890 286 180 104 2 20 0.8 10.0 58 2.12
KL30-01 618 621 1.33 13300 0.6 3.5 780 247 79 620 0.01 44 0.6 9.8 58 1.04
KL30-01 621 624 2.16 21600 0.52 4.6 520 200 450 2000 1 92 1 16.0 85 0.59
KL30-01 624 626.1 0.58 5800 0.56 2.5 870 164 26 283 3 46 0.3 21.8 30 0.15
KL30-01 626.1 628.1 0.481 4810 0.23 3.2 46 16 2 136 0.01 28 0.01 26.5 57 0.01
KL30-01 628.1 630 0.534 5340 0.3 3.3 76 40 9 84 1 20 0.2 15.5 46 0.01
KL30-01 630 633 0.414 4140 0.19 2.1 65 27 20 89 1 9 0.2 12.3 23 0.01
KL30-01 633 636 0.73 7300 0.67 3.3 271 91 18 235 1 17 0.3 17.3 96 0.01
KL30-01 636 639 0.91 9100 0.53 2.6 920 171 12 256 1 46 0.01 27.4 191 0.2
KL30-01 639 642 0.78 7800 0.42 2.7 148 53 50 88 1 29 0.01 47.0 110 0.01
KL30-01 642 645 0.43 4300 0.13 2.5 162 80 14 262 1 13 0.01 18.8 172 0.01
KL30-01 645 647.2 0.63 6300 0.14 3 490 87 49 203 2 12 1.3 14.8 164 0.11
KL30-01 647.2 650.3 0.61 6100 0.12 2.9 213 75 32 56 4 18 0.2 21.8 218 0.01
KL30-01 650.3 652 0.343 3430 0.11 1.5 248 71 21 19 1 8 0.2 9.0 167 0.01
KL30-01 652 654 0.364 3640 0.06 1.4 180 56 8 62 1 16 0.01 15.5 160 0.01
KL30-01 654 657 0.365 3650 0.04 1.5 330 156 15 260 2 24 0.6 24.3 243 0.01
KL30-01 657 660 0.165 1650 0.03 1.3 100 50 4 106 1 26 0.01 31.2 222 0.01
KL30-01 660 663 0.159 1590 0.05 1.1 156 104 0.01 64 0.01 5 0.01 3.2 76 0.01
KL30-01 663 666 0.186 1860 0.06 1.3 55 18 0.01 29 0.01 4 0.01 4.8 29 0.01
KL30-01 666 669 0.484 4840 0.15 2.5 87 26 4 77 0.01 8 0.01 7.0 50 0.01
KL30-01 669 672 0.241 2410 0.06 1.5 86 25 6 179 2 19 0.3 25.9 216 0.01
KL30-01 672 675 0.24 2400 0.05 1.3 135 33 20 211 2 24 0.5 27.7 215 0.01
KL30-01 675 678 1.59 15900 0.55 6.2 146 46 24 185 2 20 0.6 16.8 178 0.01
KL30-01 678 681 1.27 12700 0.39 4.7 920 252 66 98 0.01 42 0.01 10.8 77 0.01
KL30-01 681 684 0.66 6600 0.16 4.1 241 192 81 109 3 16 2.9 15.3 143 0.01
KL30-01 684 687 0.475 4750 0.15 2.6 650 240 12 62 2 16 0.3 17.0 61 0.01
KL30-01 687 690 0.58 5800 0.19 3.4 560 267 34 134 2 19 0.3 15.5 87 0.01
KL30-01 690 693 0.56 5600 0.23 3.5 720 620 28 93 1 17 0.4 13.3 71 0.01
KL30-01 693 696 0.478 4780 0.14 3.2 650 246 43 132 2 10 1.5 10.4 70 0.01
KL30-01 696 699 0.426 4260 0.15 2.4 270 165 7 48 1 14 0.01 21.3 74 0.01
KL30-01 699 702 1.43 14300 1.54 14 4400 2600 330 151 2 62 1.2 51.4 145 0.01
KL30-01 702 704 1.27 12700 0.8 7.1 1890 780 340 343 1 46 0.8 38.1 122 0.01
KL30-01 704 706.1 0.389 3890 0.31 1.8 266 21 47 44 0.01 15 0.01 20.3 28 0.01
KL30-01 706.1 708 0.55 5500 0.47 1.8 55 10 7 6 0.01 9 0.01 8.3 36 0.01
KL30-01 708 711 0.445 4450 0.5 1.2 63 10 6 64 0.01 8 0.01 6.0 21 0.01
KL30-01 711 714 1.21 12100 1.22 3.5 264 20 10 67 0.01 14 0.01 10.0 20 0.01
KL30-01 714 717 0.74 7400 0.58 2.7 112 10 9 39 1 16 0.01 14.0 27 0.01
KL30-01 717 720 0.2 2000 0.08 0.8 57 12 6 40 0.01 9 0.01 9.3 17 0.01
KL30-01 720 723 0.61 6100 0.44 1.8 73 7 6 48 1 13 0.01 15.3 17 0.01
KL30-01 723 726 0.375 3750 0.18 1.5 116 41 7 40 0.01 10 0.01 9.8 12 0.01
KL30-01 726 729 1.15 11500 0.41 4.3 46 8 8 67 1 22 0.01 32.3 24 0.01
KL30-01 729 732 0.197 1970 0.42 1 430 67 6 44 0.01 9 0.01 12.0 102 0.01
KL30-01 732 735 0.156 1560 0.16 1 138 27 5 90 1 5 0.01 5.3 66 0.01
KL30-01 735 738 0.339 3390 0.1 1.3 61 6 9 26 1 9 0.01 6.8 62 0.01



Appendix V - 172 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-01 738 741 1.87 18700 0.85 4.4 125 7 2 10 1 21 0.01 11.6 34 0.01
KL30-01 741 744 0.149 1490 0.06 0.1 34 6 2 37 1 5 0.01 4.3 16 0.01
KL30-01 744 747 0.128 1280 0.06 0.7 24 6 0.01 34 0.01 5 0.01 6.2 30 0.01
KL30-01 747 750 0.446 4460 0.18 2.4 90 10 3 54 0.01 7 0.01 8.2 25 0.01
KL30-01 750 753 0.263 2630 0.09 1.3 60 6 3 62 0.01 5 0.01 4.6 38 0.01
KL30-01 753 756 0.258 2580 0.13 1.4 32 5 2 10 0.01 6 0.01 2.4 25 0.01
KL30-01 756 759 0.131 1310 0.1 0.9 82 7 3 18 1 7 0.01 2.8 35 0.01
KL30-01 759 762 0.407 4070 0.24 1.7 1430 106 8 17 1 6 0.01 7.6 93 0.01
KL30-01 762 765 0.217 2170 0.09 1.1 42 10 8 43 1 7 0.01 2.8 38 0.01
KL30-01 765 768 0.126 1260 0.14 0.9 34 7 7 108 0.01 5 0.01 3.3 33 0.01
KL30-01 768 771 0.69 6900 0.5 2.6 83 16 10 33 3 7 0.2 7.5 55 0.01
KL30-01 771 774 0.263 2630 0.23 1.4 73 7 8 232 0.01 12 0.01 7.0 66 0.01
KL30-01 774 776.7 0.246 2460 0.33 1.5 470 72 11 20 1 11 0.01 6.5 91 0.01
KL30-01 776.7 779.8 1.15 11500 0.85 5.6 2300 376 22 33 2 14 0.01 13.3 139 0.01
KL30-01 779.8 782.9 0.94 9400 0.46 1.9 950 120 9 208 1 14 0.01 8.3 88 0.01
KL30-01 782.9 785.1 1.34 13400 0.64 2.8 185 13 92 28 1 22 0.4 10.3 64 0.01
KL30-01 785.1 788.4 0.81 8100 0.59 1.8 99 12 6 5 1 11 0.01 5.3 47 0.01
KL30-01 788.4 791.5 0.73 7300 0.34 2.6 590 67 8 31 1 12 0.01 6.0 50 0.01
KL30-01 791.5 794.5 0.84 8400 0.34 3.5 560 67 6 18 1 14 0.01 7.7 36 0.01
KL30-01 794.5 797.5 0.99 9900 0.9 3.5 123 9 7 13 1 16 0.01 6.8 31 0.01
KL30-01 797.5 799.3 0.66 6600 0.66 2.3 130 8 3 2 2 14 0.01 5.5 38 0.01
KL30-01 799.3 801 0.64 6400 0.84 2.5 91 8 51 19 1 16 0.01 5.8 41 0.01
KL30-01 801 804 0.63 6300 0.83 2 680 73 10 16 3 8 0.01 5.3 28 0.01
KL30-01 804 807 0.451 4510 0.75 1.2 570 37 16 45 2 7 0.01 3.8 29 0.01
KL30-01 807 810 1.2 12000 1.4 2.2 119 7 8 14 2 10 0.01 5.5 34 0.01
KL30-01 810 813 0.52 5200 0.51 1.5 126 16 5 15 1 8 0.01 4.0 20 0.01
KL30-01 813 816 0.39 3900 0.36 1.2 85 8 7 44 0.01 10 0.01 3.4 37 0.01
KL30-01 816 819 0.37 3700 0.22 1.3 178 17 4 28 0.01 6 0.01 2.8 15 0.01
KL30-01 819 822 1 10000 0.86 2.4 189 7 3 15 1 14 0.01 5.8 26 0.01
KL30-01 822 825 0.93 9300 0.69 1.5 470 48 14 3 0.01 13 0.2 6.4 23 0.01
KL30-01 825 828 0.75 7500 0.64 1.3 1440 54 16 2 0.01 14 0.01 7.5 22 0.01
KL30-01 828 831 0.75 7500 0.59 1.9 1180 115 29 3 1 15 0.01 6.5 25 0.01
KL30-01 831 834 0.494 4940 0.12 2.5 380 170 36 25 8 10 0.2 9.4 39 0.01
KL30-01 834 837 0.56 5600 0.19 2.8 1960 410 31 35 2 10 0.2 8.5 35 0.01
KL30-01 837 840 0.36 3600 0.06 1.9 1120 200 9 10 1 7 0.01 5.0 29 0.01
KL30-02 0 3 0.0006 6 0.01 0.1 28 18 7 2 0.01 1 0.5 1.6 19 0.01
KL30-02 3 6 0.0006 6 0.01 0.1 42 15 11 2 0.01 1 0.5 1.0 25 0.01
KL30-02 6 9 0.0007 7 0.01 0.1 51 40 12 3 0.01 2 0.7 1.7 22 0.01
KL30-02 9 12 0.0009 9 0.01 0.1 66 86 14 2 0.01 2 1 1.4 26 0.01
KL30-02 12 15 0.0005 5 0.01 0.1 78 51 9 2 0.01 3 0.8 0.8 22 0.01
KL30-02 15 18 0.001 10 0.01 1.4 228 700 8 1 0.01 2 3.3 1.0 22 0.01
KL30-02 18 21 0.001 10 0.01 1.1 175 356 15 1 1 1 1.5 3.1 24 0.01
KL30-02 21 24 0.0021 21 0.02 1 197 198 9 1 0.01 1 1.5 1.4 23 0.01
KL30-02 24 27 0.0008 8 0.01 0.1 31 56 8 1 0.01 1 0.7 0.7 22 0.01
KL30-02 27 30 0.0009 9 0.01 1.2 109 262 17 2 2 1 1.3 2.4 26 0.01
KL30-02 30 33 0.002 20 0.07 6.3 280 2100 19 3 1 1 5.6 8.2 27 0.01
KL30-02 33 36 0.0015 15 0.02 0.1 21 112 17 4 1 1 1.4 3.9 34 0.01
KL30-02 36 39 0.005 50 0.01 0.1 73 120 12 3 0.01 1 1.7 1.3 35 0.01
KL30-02 39 42 0.004 40 0.01 0.1 29 47 8 3 0.01 1 0.9 1.3 23 0.01
KL30-02 42 45 0.0008 8 0.01 0.1 127 261 5 2 0.01 1 0.9 1.3 15 0.01
KL30-02 45 48 0.0006 6 0.01 0.1 70 58 7 1 0.01 2 0.7 1.2 24 0.01
KL30-02 48 51 0.0007 7 0.01 0.1 87 137 9 1 0.01 1 1.2 2.3 28 0.01
KL30-02 51 54 0.0019 19 0.02 1 419 550 31 4 0.01 3 3 1.5 41 0.01
KL30-02 54 57 0.0134 134 0.06 2.2 630 750 47 4 0.01 3 5.1 1.4 85 0.01
KL30-02 57 58.8 0.0134 134 0.04 1.8 161 810 40 6 0.01 4 3.3 1.8 135 0.01
KL30-02 58.8 60.5 0.0062 62 0.05 0.8 61 79 23 11 1 8 1.3 2.5 75 0.01
KL30-02 60.5 63 0.061 610 0.1 25.8 680 16500 220 55 38 15 25 34.3 98 0.01
KL30-02 63 67.5 0.134 1340 0.33 97 383 13800 490 305 132 62 19.5 184.0 34 0.01
KL30-02 67.5 70.5 0.39 3900 0.56 293 49500 16500 890 12 510 8 23 220.0 115 0.01
KL30-02 70.5 73.5 0.0066 66 0.15 5.4 400 2200 35 4 5 1 2.8 6.8 37 0.01
KL30-02 73.5 76.5 0.0017 17 0.02 1.2 90 312 39 9 0.01 1 4.4 4.1 30 0.01
KL30-02 76.5 79.5 0.0042 42 0.11 2.6 319 135 36 7 3 3 3.3 2.5 116 0.01
KL30-02 79.5 81.3 0.0079 79 0.07 0.1 114 71 20 5 1 3 1.1 0.6 20 0.01



Appendix V - 173 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-02 81.3 83.8 0.011 110 0.06 0.5 119 56 29 6 0.01 1 1.4 0.7 26 0.01
KL30-02 83.8 85.5 0.0124 124 0.09 0.8 232 89 21 7 0.01 2 1.9 1.3 27 0.01
KL30-02 85.5 88.5 0.007 70 0.02 0.1 141 58 9 5 0.01 2 0.6 0.5 18 0.01
KL30-02 88.5 92 0.0069 69 0.01 0.1 41 60 3 4 0.01 1 0.01 0.0 20 0.01
KL30-02 92 95.1 0.0044 44 0.01 0.1 34 87 3 4 0.01 1 0.01 0.5 12 0.01
KL30-02 95.1 97.5 0.0056 56 0.03 0.7 32 153 6 3 0.01 1 0.01 0.5 13 0.01
KL30-02 97.5 100.5 0.0051 51 0.03 0.6 23 73 5 7 0.01 1 0.01 0.0 12 0.01
KL30-02 100.5 103.2 0.0085 85 0.06 3.8 440 940 9 8 1 1 2.2 1.7 18 0.01
KL30-02 103.2 106 0.0078 78 0.09 0.1 30 70 4 4 0.01 1 0.7 1.6 24 0.01
KL30-02 106 109 0.001 10 0.04 0.1 33 61 4 4 0.01 1 0.6 0.0 13 0.01
KL30-02 109 111.8 0.0033 33 0.03 0.1 11 37 5 2 0.01 1 0.01 1.0 10 0.01
KL30-02 111.8 115 0.001 10 0.05 0.1 26 104 4 3 0.01 1 1.2 1.2 24 0.01
KL30-02 115 117 0.0007 7 0.22 3 88 810 8 2 1 1 6.4 1.4 27 0.01
KL30-02 117 120 0.0057 57 0.13 1.4 266 1150 5 5 0.01 1 1.8 1.7 23 0.01
KL30-02 120 123 0.0055 55 0.15 2.7 273 2400 10 5 1 1 4.5 2.5 22 0.01
KL30-02 123 126 0.008 80 0.07 9.2 2300 8000 19 2 0.01 1 13.8 1.8 24 0.01
KL30-02 126 129 0.0077 77 0.05 1.6 75 216 9 10 0.01 1 3.1 1.9 24 0.01
KL30-02 129 132 0.0015 15 0.04 1.6 118 1000 6 3 0.01 1 1.9 6.1 21 0.01
KL30-02 132 134.8 0.0025 25 0.04 1.4 203 810 9 2 0.01 1 1.2 2.2 25 0.01
KL30-02 134.8 137.5 0.0008 8 0.03 0.6 61 160 5 1 0.01 1 2.3 1.5 27 0.01
KL30-02 137.5 139.5 0.0032 32 0.08 4 560 1740 13 4 4 1 3.8 4.7 28 0.01
KL30-02 139.5 142.1 0.0063 63 0.07 8.7 1960 460 15 3 0.01 1 5 1.6 25 0.34
KL30-02 142.1 145 0.0053 53 0.05 1.2 155 430 15 1 0.01 1 1.7 2.0 23 0.01
KL30-02 145 147.2 0.0008 8 0.08 1 64 213 10 3 0.01 1 2.4 1.1 31 0.01
KL30-02 147.2 149.5 0.0062 62 0.07 3.8 1650 2300 16 5 0.01 1 4.4 5.8 33 0.01
KL30-02 149.5 152.4 0.0034 34 0.03 2.9 730 1830 7 6 0.01 1 3.9 3.2 27 0.01
KL30-02 152.4 154.5 0.0032 32 0.03 2.2 213 1730 6 6 0.01 1 3.6 2.4 25 0.01
KL30-02 154.5 156 0.0037 37 0.04 4.7 348 3450 8 4 0.01 1 5.1 2.1 18 0.01
KL30-02 156 156.9 0.24 2400 0.3 578 11500 465000 480 9 1 1 490 67.5 50 0.46
KL30-02 156.9 159 0.121 1210 0.27 132 12100 83600 260 14 0.01 1 125 9.3 17 0.42
KL30-02 159 161.6 0.0031 31 0.05 2.1 660 1210 12 4 0.01 1 2.1 1.1 12 0.01
KL30-02 161.6 164.5 0.0068 68 0.1 2 600 1460 11 11 1 1 2.5 2.8 12 0.01
KL30-02 164.5 167 0.0083 83 0.04 2.4 800 1880 15 7 0.01 1 3.2 1.7 10 0.01
KL30-02 167 169.8 0.0072 72 0.03 1.4 248 1020 6 10 0.01 1 1.3 1.4 13 0.01
KL30-02 169.8 173.7 0.0105 105 0.04 3.8 3000 3600 12 7 0.01 1 4.6 7.3 13 0.01
KL30-02 173.7 176.7 0.0275 275 0.03 15.3 7300 10800 30 23 1 1 14.7 22.4 13 0.01
KL30-02 176.7 178.6 0.0253 253 0.05 16 8400 13700 21 34 1 1 18 8.8 10 0.01
KL30-02 178.6 181.5 0.0058 58 0.04 4.6 3500 3300 8 4 0.01 1 4.5 3.0 18 0.01
KL30-02 181.5 184.5 0.0104 104 0.05 6.4 2800 1750 33 7 4 1 4.7 7.2 13 0.01
KL30-02 184.5 187.5 0.006 60 0.03 4.1 610 1230 20 6 4 1 3.7 4.3 20 0.01
KL30-02 187.5 190.5 0.0154 154 0.05 5.1 2300 1350 53 13 2 1 4.5 4.3 16 0.01
KL30-02 190.5 192 0.014 140 0.04 8.1 2400 1330 34 15 7 1 5.2 5.2 17 0.01
KL30-02 192 195 0.039 390 0.07 17.9 4100 3900 140 11 30 2 13.8 8.5 21 0.01
KL30-02 195 198 0.0235 235 0.08 4.7 3900 2500 50 16 5 3 5.2 5.8 17 0.01
KL30-02 198 201 0.058 580 0.11 3.3 2400 890 110 7 6 2 4.9 6.1 13 0.01
KL30-02 201 204 0.0274 274 0.08 3.5 2900 990 55 6 7 2 3.8 6.0 13 0.01
KL30-02 204 207 0.0168 168 0.07 3 1460 1860 21 9 5 1 2.1 4.2 12 0.01
KL30-02 207 210 0.24 2400 0.57 10.9 7200 10800 79 8 40 1 8.4 10.4 36 0.01
KL30-02 210 212 0.413 4130 0.51 18 4450 2400 68 26 112 16 3.1 34.3 42 0.01
KL30-02 212 214.5 0.67 6700 1.71 8.9 9100 810 220 13 110 2 2.6 52.5 90 0.43
KL30-02 214.5 217.5 0.79 7900 1.7 5.6 1070 540 200 4 80 3 2.8 100.0 187 0.21
KL30-02 217.5 220.5 0.57 5700 0.62 3.3 460 113 78 10 18 42 2.4 59.0 210 0.18
KL30-02 220.5 223.5 1.04 10400 0.72 8.5 490 86 90 129 20 71 1.4 79.5 206 0.32
KL30-02 223.5 226 1.92 19200 1.08 12.8 265 810 100 230 21 78 2.1 55.0 216 0.88
KL30-02 226 228 1.05 10500 0.38 7.7 317 1750 82 136 9 72 7.8 75.0 266 0.42
KL30-02 228 231 1.32 13200 0.28 3.7 101 57 35 1625 4 15 0.6 18.9 476 0.01
KL30-02 231 234 0.427 4270 0.69 3.1 140 53 130 590 8 15 1.2 24.3 299 0.01
KL30-02 234 237 0.57 5700 0.61 7 265 175 62 32 40 11 6.5 12.8 145 0.01
KL30-02 237 240 0.71 7100 0.61 6.7 327 136 93 88 4 28 6.5 14.3 262 0.01
KL30-02 240 243 0.71 7100 0.6 6 312 127 87 78 3 28 5.8 12.5 254 0.25
KL30-02 243 246 1.47 14700 1.01 12.1 276 143 96 98 10 36 5.6 10.3 177 0.18
KL30-02 246 249 1.67 16700 1.03 8.5 174 76 54 78 4 52 3.2 15.5 185 0.14
KL30-02 249 252 1.3 13000 0.9 10 111 40 62 258 9 56 1.9 14.3 179 0.15



Appendix V - 174 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-02 252 255 1.18 11800 0.84 7.4 86 23 55 60 4 20 1.9 14.0 191 0.33
KL30-02 255 257.5 0.89 8900 0.65 8 2300 2100 50 78 5 27 4.1 12.3 204 1.02
KL30-02 257.5 259.5 2.02 20200 1.34 12.1 137 70 38 195 3 53 2.5 12.0 257 0.32
KL30-02 259.5 261.5 1.73 17300 1.37 13.4 269 87 46 195 5 58 3.2 24.0 272 0.39
KL30-02 261.5 264 2.36 23600 2.2 22.8 1120 114 61 9 7 37 2.1 25.0 208 0.82
KL30-02 264 266.5 3.06 30600 1.08 16.8 480 38 94 2 13 26 1.7 25.0 162 0.59
KL30-02 266.5 268.5 1.67 16700 0.73 8.3 246 32 29 3 16 19 1 23.7 156 0.38
KL30-02 268.5 271.5 2.95 29500 0.94 12.4 119 19 50 6 12 35 4.5 43.0 192 0.57
KL30-02 271.5 274.7 1.78 17800 1.18 4.6 160 37 64 2010 13 64 3.1 45.5 209 0.29
KL30-02 274.7 277.5 2.03 20300 1.24 4.4 118 43 80 1620 14 80 3.5 50.2 200 0.23
KL30-02 277.5 280.5 2.39 23900 1.01 5.8 52 24 44 760 5 44 1.3 51.5 204 0.32
KL30-02 280.5 283.5 1.24 12400 0.54 1.5 281 310 53 1450 5 42 1.4 29.3 171 0.16
KL30-02 283.5 285.5 2.18 21800 0.8 2.8 63 34 85 320 3 50 2.1 35.0 152 0.5
KL30-02 285.5 288.5 2.33 23300 1.13 4.3 83 26 37 143 3 38 0.8 34.0 146 0.27
KL30-02 288.5 291 5.69 56900 1.34 10.6 86 32 52 8 7 48 1.6 32.6 104 1.12
KL30-02 291 294 0.5 5000 0.59 2.1 67 37 100 428 13 40 1.9 36.0 157 0.01
KL30-02 294 297 7.83 78300 1.44 14 60 34 86 3 4 37 1.5 26.3 119 0.85
KL30-02 297 300 3.36 33600 0.96 9.7 59 18 280 21 10 42 1.9 18.5 233 0.52
KL30-02 300 303 2.56 25600 0.76 2.8 56 31 47 20 4 42 0.8 25.5 174 0.3
KL30-02 303 306 1.09 10900 0.93 1.9 160 41 34 125 2 25 0.8 14.5 154 0.17
KL30-02 306 309 0.119 1190 0.18 0.8 40 13 12 187 1 14 0.3 17.5 166 0.01
KL30-02 309 311.5 0.299 2990 0.19 1 19 12 17 272 4 12 0.6 28.3 163 0.01
KL30-02 311.5 314 0.085 850 0.14 0.1 16 11 17 390 2 10 0.4 27.5 201 0.01
KL30-02 314 316.5 0.052 520 0.15 0.1 24 6 18 256 1 8 0.5 30.2 143 0.01
KL30-02 316.5 319.5 0.245 2450 0.25 1 22 9 41 327 8 22 1.6 25.7 211 0.01
KL30-02 319.5 322.5 3.63 36300 1.04 6.3 56 22 240 10 9 50 2.2 48.0 212 0.01
KL30-02 322.5 325.5 2.33 23300 1.32 6.5 30 16 91 13 16 43 3.1 28.3 301 0.01
KL30-02 325.5 328.5 1.73 17300 0.99 5.7 291 268 43 36 11 31 1.9 22.5 163 0.01
KL30-02 328.5 331.5 1.85 18500 0.93 9.4 67 57 55 6 26 51 1.5 35.5 201 0.01
KL30-02 331.5 334.5 1.89 18900 1.29 10.8 31 18 130 7 18 31 2.2 26.5 101 0.01
KL30-02 334.5 337.5 1.69 16900 1.35 9.7 89 72 220 426 19 49 3.3 30.5 116 0.01
KL30-02 337.5 340.5 0.9 9000 0.85 7.4 354 127 170 32 12 56 1.9 21.8 161 0.15
KL30-02 340.5 343.5 0.95 9500 1.33 11.8 362 283 390 44 7 34 4.6 15.5 186 0.2
KL30-02 343.5 346.5 1.39 13900 1.84 16.7 1040 720 360 42 10 45 4.5 25.0 180 0.21
KL30-02 346.5 349.5 0.54 5400 1.09 6.6 324 178 87 78 7 22 2.1 14.1 255 0.01
KL30-02 349.5 352.5 0.85 8500 0.59 5.1 71 47 43 38 8 23 3.1 17.5 180 0.01
KL30-02 352.5 355.5 0.25 2500 0.36 2.9 54 28 17 56 3 11 0.8 10.3 233 0.01
KL30-02 355.5 358.2 0.268 2680 1.1 3.6 83 32 18 79 3 13 0.2 9.0 184 0.15
KL30-02 358.2 361.5 2.37 23700 2.08 13.5 660 236 120 10 5 61 2.7 17.5 211 0.01
KL30-02 361.5 364.5 2.85 28500 1.88 17.6 3400 1550 160 4 6 58 4.9 21.5 314 0.01
KL30-02 364.5 367.5 1.26 12600 1.08 10.7 1870 3750 190 12 11 51 8 19.8 158 0.01
KL30-02 367.5 370.5 1.63 16300 1.65 14.3 2300 3200 220 16 7 35 8.9 23.5 190 0.01
KL30-02 370.5 373 0.3 3000 0.61 3.3 1930 2060 180 16 4 6 6.5 17.5 84 0.01
KL30-02 373 375.2 0.67 6700 1.55 3.5 1000 790 170 16 2 20 2.5 17.8 122 0.01
KL30-02 375.2 378 0.68 6800 1.45 9.3 2050 2250 340 3 6 9 7.8 13.8 97 0.68
KL30-02 378 381 0.178 1780 0.62 2.2 440 346 200 43 4 20 7.4 32.2 155 0.1
KL30-02 381 384 0.263 2630 0.7 1.6 78 53 130 54 2 4 3.8 18.8 96 0.01
KL30-02 384 387 0.061 610 0.91 0.8 78 60 200 32 5 3 3.7 21.3 120 0.01
KL30-02 387 390 0.064 640 1.02 0.7 54 32 300 215 11 2 3.5 11.0 84 0.01
KL30-02 390 392 0.0071 71 0.11 0.1 36 15 82 34 1 2 1.4 2.3 61 0.01
KL30-02 392 393.5 0.0054 54 0.47 0.1 41 32 310 85 1 3 4.4 2.3 66 0.1
KL30-02 393.5 396 0.0044 44 1.19 0.1 64 33 450 357 1 3 6.6 6.0 51 0.35
KL30-02 396 399 0.0087 87 0.72 0.7 78 35 280 39 1 2 3.7 1.8 60 0.18
KL30-02 399 402 0.003 30 0.19 0.1 91 32 170 26 0.01 1 1.5 2.0 57 0.01
KL30-02 402 405 0.0152 152 0.16 0.6 148 67 130 10 1 2 1.6 2.5 62 0.15
KL30-02 405 408 0.169 1690 1.31 2.2 295 64 430 21 4 6 9.9 6.0 70 0.77
KL30-02 408 411 0.64 6400 1.72 8.6 250 115 480 22 12 8 15 6.5 50 0.34
KL30-02 411 415 0.38 3800 2.14 23.2 7400 5900 310 212 80 14 15.5 25.0 62 0.65
KL30-02 415 418.2 0.96 9600 1.71 13.3 291 253 350 77 134 12 11.1 11.5 63 0.25
KL30-02 418.2 420.4 0.38 3800 1.01 29.9 13200 22000 200 52 92 8 19.7 56.4 76 0.17
KL30-02 420.4 423 0.0181 181 0.35 4.1 3600 3230 93 9 1 4 7.1 15.1 36 0.12
KL30-02 423 426 0.0175 175 0.68 9.4 1240 2000 140 16 6 5 17.3 12.5 47 0.55
KL30-02 426 429 0.087 870 0.92 10.7 4000 2100 240 26 7 4 58 20.5 41 1.04



Appendix V - 175 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-02 429 432 0.28 2800 2 51 37300 23700 500 30 2 6 162 43.8 43 1.84
KL30-02 432 435 0.0075 75 0.28 0.1 201 278 85 7 1 5 3.8 0.7 30 0.01
KL30-02 435 438 0.0201 201 0.39 2.2 600 670 130 17 5 4 5.7 0.7 28 0.17
KL30-02 438 441 0.0155 155 0.34 1.9 1460 860 120 31 11 5 3.6 11.0 50 0.01
KL30-02 441 444 0.0038 38 0.1 0.5 349 146 68 4 0.01 2 1.7 0.7 23 0.01
KL30-02 444 447 0.056 560 0.63 17.5 22500 33500 120 13 3 4 12.7 526.0 56 0.13
KL30-02 447 450 0.049 490 0.28 1.4 214 213 110 11 1 5 3.1 3.0 29 0.01
KL30-02 450 453 0.0074 74 0.16 1.5 540 970 110 6 2 4 3.3 3.0 25 0.01
KL30-02 453 454.3 0.0397 397 0.24 1.5 530 450 110 22 5 4 3.1 3.7 23 0.11
KL30-02 454.3 456 0.0103 103 0.06 0.6 46 43 20 3 0.01 2 1 0.0 25 0.01
KL30-02 456 459 0.0166 166 0.08 0.1 70 28 27 8 0.01 4 1 1.5 25 0.01
KL30-03 0 3 0.0025 25 0.01 0.1 41 16 6 3 0.01 1 0.4 0.5 25 0.01
KL30-03 3 6 0.0035 35 0.01 0.1 55 22 8 4 0.01 1 0.4 0.7 34 0.01
KL30-03 6 9 0.0045 45 0.01 0.1 79 34 11 4 0.01 1 0.7 0.8 35 0.01
KL30-03 9 12 0.0041 41 0.01 0.1 104 51 9 3 0.01 1 0.4 1.2 29 0.01
KL30-03 12 15 0.0035 35 0.01 0.7 127 49 11 4 0.01 1 1.1 2.1 31 0.01
KL30-03 15 18 0.0027 27 0.01 0.1 218 162 8 3 0.01 1 0.7 0.8 27 0.01
KL30-03 18 21 0.0045 45 0.01 0.1 115 133 7 1 0.01 1 0.5 0.7 26 0.01
KL30-03 21 24 0.0021 21 0.01 0.1 57 74 8 1 0.01 1 0.3 0.7 26 0.01
KL30-03 24 27 0.004 40 0.01 0.1 38 51 6 1 0.01 1 0.3 0.7 26 0.01
KL30-03 27 30 0.0035 35 0.01 0.1 52 76 9 2 0.01 1 0.3 0.0 31 0.01
KL30-03 30 33 0.002 20 0.04 0.1 50 99 12 1 0.01 1 0.7 1.2 32 0.01
KL30-03 33 36 0.0018 18 0.05 0.7 42 155 5 1 0.01 1 1.5 0.8 28 0.01
KL30-03 36 39 0.0027 27 0.05 0.1 33 58 15 1 0.01 1 0.7 2.1 32 0.01
KL30-03 39 42 0.003 30 0.09 0.1 42 90 20 3 0.01 1 0.9 2.7 32 0.01
KL30-03 42 45 0.0025 25 0.02 0.1 49 27 14 1 0.01 1 0.3 1.0 26 0.01
KL30-03 45 48 0.0021 21 0.01 0.1 20 17 6 1 0.01 1 0.01 1.0 32 0.01
KL30-03 48 51 0.0024 24 0.01 0.1 38 33 8 3 0.01 1 0.5 0.7 38 0.01
KL30-03 51 54 0.0019 19 0.01 0.1 17 15 5 1 0.01 1 0.2 0.6 32 0.01
KL30-03 54 57 0.0018 18 0.04 0.1 30 92 7 1 0.01 1 0.5 0.8 28 0.01
KL30-03 57 60.5 0.0027 27 0.05 0.1 44 36 14 1 0.01 1 0.5 0.6 28 0.01
KL30-03 60.5 63 0.0164 164 0.08 1.2 960 330 51 1 4 6 0.7 2.3 136 0.01
KL30-03 63 66 0.0085 85 0.06 2.2 428 670 37 2 2 6 2.8 1.1 189 0.1
KL30-03 66 67.6 0.0052 52 0.06 1.5 250 274 30 1 2 5 2.1 1.8 193 0.01
KL30-03 67.6 69.9 0.0051 51 0.1 1.3 94 106 36 2 0.01 6 1.2 2.6 106 0.01
KL30-03 69.9 75.2 0.213 2130 0.23 68 1190 4560 420 6 10 1 600 9.6 15 0.21
KL30-03 75.2 79.5 0.0085 85 0.05 3.5 780 940 53 4 1 1 10 7.6 59 0.1
KL30-03 79.5 82.5 0.0054 54 0.02 1.3 670 590 13 1 1 1 3.3 3.5 278 0.01
KL30-03 82.5 85.5 0.0036 36 0.02 1.4 470 730 7 3 0.01 1 0.8 8.7 61 0.01
KL30-03 85.5 87.5 0.021 210 0.21 2 168 161 15 19 1 1 5.3 3.6 80 0.01
KL30-03 87.5 90 0.101 1010 0.1 38 5900 4000 340 7 2 1 89 9.7 206 0.23
KL30-03 90 94.5 0.0045 45 0.05 1.2 253 229 10 6 0.01 1 2.3 0.0 363 0.1
KL30-03 94.5 99 0.008 80 0.09 1.2 374 318 18 6 3 1 4.5 0.8 268 0.01
KL30-03 99 102.1 0.0168 168 0.04 1.1 168 156 7 5 1 1 0.8 0.0 219 0.01
KL30-03 102.1 105 0.0238 238 0.04 0.7 105 95 7 5 2 1 0.5 0.7 196 0.01
KL30-03 105 108 0.0011 11 0.02 0.1 28 64 2 4 0.01 1 0.3 0.0 294 0.01
KL30-03 108 111 0.0007 7 0.01 0.1 16 24 2 6 0.01 1 0.2 0.0 143 0.01
KL30-03 111 114 0.0008 8 0.03 0.5 59 66 5 7 0.01 1 0.4 0.0 72 0.01
KL30-03 114 117 0.001 10 0.05 1.1 74 306 5 5 0.01 1 0.9 0.0 158 0.01
KL30-03 117 120 0.0004 4 0.09 1 33 343 4 5 0.01 1 1.7 0.9 51 0.13
KL30-03 120 122.5 0.0022 22 0.21 1.3 67 201 24 5 0.01 1 3.9 3.2 87 0.01
KL30-03 122.5 125.5 0.002 20 0.13 5.2 74 2750 22 10 1 1 11.9 1.7 38 0.1
KL30-03 125.5 130.5 0.006 60 0.21 12.9 1260 9800 22 9 1 1 17.3 3.3 32 0.15
KL30-03 130.5 133.5 0.0016 16 0.05 3.7 530 2970 4 7 0.01 1 7.2 3.5 76 0.01
KL30-03 133.5 137.3 0.0004 4 0.03 0.1 51 54 1 5 0.01 1 0.5 0.0 30 0.01
KL30-03 137.3 141 0.0005 5 0.06 1.2 321 70 8 3 0.01 1 2.8 1.3 35 0.01
KL30-03 141 145 0.0004 4 0.03 0.1 68 110 2 3 0.01 1 0.3 1.6 34 0.01
KL30-03 145 148.5 0.0009 9 0.03 0.1 201 145 3 3 0.01 1 0.9 1.9 36 0.1
KL30-03 148.5 151.9 0.0013 13 0.05 0.9 148 164 23 1 2 4 1.1 3.2 40 0.1
KL30-03 151.9 155.5 0.002 20 0.11 2.8 730 2440 22 3 1 1 2.9 8.5 30 0.1
KL30-03 155.5 158.5 0.0004 4 0.05 0.1 71 84 3 2 0.01 1 1.1 1.3 41 0.1
KL30-03 158.5 162.2 0.0006 6 0.08 0.6 139 170 6 2 0.01 1 1.1 1.6 40 0.1
KL30-03 162.2 167.9 0.0011 11 0.14 0.7 76 229 13 10 0.01 1 2.4 1.1 44 0.13



Appendix V - 176 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-03 167.9 175.3 0.0094 94 0.08 7.3 4360 3290 16 117 10 1 3.4 8.1 20 0.13
KL30-03 175.3 178.5 0.0034 34 0.03 1.8 610 1780 4 16 0.01 1 2.6 3.2 23 0.1
KL30-03 178.5 181.5 0.0089 89 0.07 1.9 630 670 21 38 0.01 1 2.5 2.0 24 0.01
KL30-03 181.5 184.1 0.0292 292 0.07 3.8 1640 1240 53 36 6 1 5.8 9.5 23 0.01
KL30-03 184.1 187.1 0.043 430 0.08 4.8 1480 1070 140 41 5 1 15.3 4.7 26 0.21
KL30-03 187.1 190.2 0.036 360 0.38 7.8 2660 3760 88 34 6 1 15 5.5 24 0.21
KL30-03 190.2 193.4 0.0394 394 0.21 8.6 3440 2260 96 36 16 1 14.1 8.2 27 0.2
KL30-03 193.4 196.5 0.0109 109 0.01 0.1 61 20 2 3 0.01 15 0.01 0.0 24 0.01
KL30-03 196.5 199.5 0.0284 284 0.21 8.1 2730 1910 57 10 16 1 8.2 8.0 26 0.21
KL30-03 199.5 202.5 0.0148 148 0.11 2.8 2810 1280 29 13 5 1 2.6 4.0 24 0.12
KL30-03 202.5 205.5 0.087 870 0.38 12.1 8300 9200 360 58 23 1 34 16.8 23 0.27
KL30-03 205.5 209 0.098 980 0.4 3.1 1260 790 250 23 9 1 18.8 20.0 32 0.13
KL30-03 209 211.5 0.076 760 0.26 3.2 670 400 38 22 15 1 2.1 12.2 32 0.14
KL30-03 211.5 214.5 0.318 3180 1.21 8 700 230 180 16 35 6 2.7 30.0 99 0.1
KL30-03 214.5 217.5 0.74 7400 4.25 23.4 710 1530 170 42 162 6 3.1 40.5 73 0.01
KL30-03 217.5 220.5 1.24 12400 2.71 10 1310 327 72 53 15 26 3.6 70.0 227 1.03
KL30-03 220.5 223.5 1.31 13100 1.84 6.5 328 107 19 60 17 42 1.5 47.0 100 0.01
KL30-03 223.5 226.5 1.31 13100 1.68 8 680 239 24 63 4 27 1.3 31.5 86 0.01
KL30-03 226.5 228 2.41 24100 4.44 13.7 490 221 47 17 3 43 2.1 25.5 112 0.37
KL30-03 228 230.1 0.93 9300 1.24 7.2 173 167 58 32 14 53 17.5 45.6 224 0.56
KL30-03 230.1 232.5 0.377 3770 0.38 3.3 59 67 78 98 10 54 5.3 90.0 140 0.14
KL30-03 232.5 235.5 0.242 2420 0.28 2.3 84 69 41 2440 6 34 2 45.0 350 0.01
KL30-03 235.5 238.5 0.435 4350 0.41 3.2 75 85 45 116 6 38 2.2 38.2 355 0.12
KL30-03 238.5 241.5 1.31 13100 1.26 6.7 150 142 66 211 4 47 4.8 41.0 286 0.43
KL30-03 241.5 244.5 1.14 11400 1.14 5.7 217 187 67 29 5 36 6.2 25.0 146 0.29
KL30-03 244.5 247.5 2.92 29200 0.56 7.5 67 68 59 17 4 36 2.3 27.0 299 0.52
KL30-03 247.5 250.5 2.33 23300 0.97 7.4 127 117 110 72 5 40 2.9 51.0 305 0.37
KL30-03 250.5 253.5 2.47 24700 0.99 4.2 52 55 34 19 3 51 2.6 43.0 249 0.97
KL30-03 253.5 256.5 1.6 16000 0.81 3.2 46 28 68 156 4 41 2.5 44.0 299 0.39
KL30-03 256.5 259.5 0.142 1420 0.51 1.2 31 37 60 149 5 59 1.7 42.4 328 0.01
KL30-03 259.5 262.5 1.29 12900 0.71 3.5 73 41 47 520 3 75 1.2 35.5 329 0.32
KL30-03 262.5 265.5 2.54 25400 1.5 5.2 178 137 60 117 1 90 2.2 4.0 244 0.48
KL30-03 265.5 268.5 4.01 40100 2.22 10.1 298 105 65 107 1 84 7 20.0 197 0.36
KL30-03 268.5 271.5 1.93 19300 1.73 4.2 97 57 102 283 3 88 2.4 34.0 315 0.17
KL30-03 271.5 274.4 1.23 12300 0.86 1.6 36 24 30 203 2 75 1.3 47.0 230 0.12
KL30-03 274.4 277.5 1.91 19100 0.68 2.7 33 17 30 171 5 73 0.8 34.5 207 0.15
KL30-03 277.5 280.5 1.67 16700 0.57 3.9 28 20 86 615 4 57 2.5 30.0 296 0.01
KL30-03 280.5 284.5 0.86 8600 0.52 1.5 38 30 40 860 2 43 1.6 23.0 257 0.11
KL30-03 284.5 286.5 0.75 7500 0.44 1.1 34 37 35 640 2 63 1 39.0 184 0.1
KL30-03 286.5 289.5 1.59 15900 0.75 3.2 45 24 75 193 4 44 2.4 29.0 261 0.1
KL30-03 289.5 292.5 1.46 14600 0.84 2.4 30 19 41 510 6 43 1.3 36.0 338 0.01
KL30-03 292.5 295.5 0.81 8100 0.86 2.6 269 104 110 160 15 100 2.7 44.0 250 0.11
KL30-03 295.5 298.5 1.42 14200 0.94 3.7 28 19 56 108 6 82 3.5 49.0 256 0.1
KL30-03 298.5 300 2.61 26100 2.4 5.3 50 41 0.01 107 0.01 1 1.6 70.0 207 0.1
KL30-03 300 303 0.68 6800 1.12 4.3 680 270 0.01 92 0.01 1 10.1 43.0 304 0.1
KL30-03 303 306 0.442 4420 0.44 1.4 33 46 0.01 103 0.01 1 8.3 49.0 253 0.01
KL30-03 306 309 1.78 17800 1.29 7.6 48 43 0.01 26 0.01 1 13.6 43.5 205 0.01
KL30-03 309 312.2 2.93 29300 2.63 16 365 85 0.01 12 0.01 1 13.5 37.0 191 0.14
KL30-03 312.2 315 2.81 28100 3.75 17 1800 156 0.01 270 0.01 1 2.6 30.0 30 0.01
KL30-03 315 317.9 2.58 25800 2.87 15.5 2300 1020 0.01 48 0.01 1 4.4 45.0 173 0.01
KL30-03 317.9 321 0.94 9400 1.19 7.6 305 160 0.01 43 0.01 1 5.4 36.3 52 0.01
KL30-03 321 323.7 0.56 5600 1.88 10.3 3890 1200 0.01 39 0.01 1 5.7 23.0 152 0.01
KL30-03 323.7 327 1.13 11300 3.1 46 27700 10400 0.01 210 0.01 1 10.5 57.0 148 0.18
KL30-03 327 330 1.66 16600 2.04 43 18000 5400 0.01 180 0.01 1 16.7 66.8 94 0.33
KL30-03 330 333 2.16 21600 2.24 83 52300 15000 0.01 296 0.01 1 19.6 97.0 227 0.45
KL30-03 333 336 1.79 17900 2.48 61 43200 9100 0.01 430 0.01 1 34 52.8 351 0.52
KL30-03 336 339 0.62 6200 1.73 31.2 25500 10500 0.01 102 0.01 1 18.8 30.5 75 0.19
KL30-03 339 342 1.05 10500 1.8 32 36000 8900 0.01 760 0.01 1 12.2 23.8 56 0.4
KL30-03 342 345 1.15 11500 2.76 36.5 61400 6800 0.01 1690 0.01 1 31 73.0 198 0.55
KL30-03 345 348 3.2 32000 2.12 45 29500 5700 0.01 104 0.01 1 24 105.0 157 0.13
KL30-03 348 350.5 2.51 25100 4.02 69 97800 19000 0.01 215 0.01 1 34 185.0 72 0.64
KL30-03 350.5 353.5 0.141 1410 0.99 17.9 9700 6000 0.01 136 0.01 1 32 52.0 85 0.32
KL30-03 353.5 357 0.086 860 0.23 5.7 4460 1300 0.01 41 0.01 1 6.5 12.7 25 0.14



Appendix V - 177 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-03 357 360 0.1 1000 0.17 7.9 3890 1870 0.01 42 0.01 1 4.6 19.3 23 0.13
KL30-03 360 363 0.087 870 0.57 6.6 2880 1140 0.01 61 0.01 1 14.1 9.5 53 0.23
KL30-03 363 366 0.29 2900 0.62 33.8 17100 12300 0.01 440 0.01 1 30 48.0 43 0.18
KL30-03 366 369 0.145 1450 0.6 20.7 7600 4300 0.01 140 0.01 1 40 28.7 64 0.27
KL30-03 369 372 0.126 1260 0.46 14.2 5200 3600 0.01 110 0.01 1 24 9.6 46 0.22
KL30-03 372 375 0.092 920 0.47 24.5 16900 10800 0.01 40 0.01 1 20 83.0 35 0.24
KL30-03 375 378 0.49 4900 0.29 17.3 8200 2800 0.01 238 0.01 1 9.5 17.2 38 0.01
KL30-03 378 381 0.42 4200 0.94 66 16700 22000 0.01 163 0.01 1 172 26.2 45 0.82
KL30-03 381 384 0.135 1350 0.53 24.9 6700 3000 0.01 110 0.01 1 74 15.7 31 0.36
KL30-03 384 387 0.48 4800 0.52 24.3 13400 8200 0.01 340 0.01 1 32 53.0 26 0.45
KL30-03 387 390 0.125 1250 0.47 9.4 4880 2780 0.01 110 0.01 1 17.5 19.5 27 0.24
KL30-03 390 393 0.082 820 0.76 19 5160 7500 0.01 103 0.01 1 38 22.5 44 0.29
KL30-03 393 396 0.052 520 0.64 4.3 2110 1000 0.01 41 0.01 1 8.3 11.0 42 0.3
KL30-03 396 399 0.37 3700 2.23 11.3 6300 3800 0.01 138 0.01 1 17.8 26.7 30 0.55
KL30-03 399 402 0.071 710 0.44 5.4 14800 5700 0.01 7 0.01 1 7.5 29.5 32 0.25
KL30-03 402 405 0.28 2800 0.48 2.9 930 356 0.01 21 0.01 1 7.7 5.8 26 0.1
KL30-03 405 408 0.299 2990 1.26 5.4 2990 1430 0.01 48 0.01 1 13 17.5 22 0.4
KL30-03 408 411 0.186 1860 0.19 2.6 1580 660 0.01 22 0.01 1 4.9 8.0 16 0.01
KL30-03 411 414 0.0297 297 0.13 1.2 430 165 0.01 12 0.01 1 2.3 3.2 17 0.14
KL30-03 414 417 0.131 1310 0.17 2.1 800 172 0.01 50 0.01 1 3.7 7.5 11 0.17
KL30-03 417 420 0.071 710 0.48 2.3 1410 600 0.01 26 0.01 1 6.9 7.1 30 0.14
KL30-03 420 423 0.059 590 0.17 2.2 2410 1090 0.01 66 0.01 1 3.5 23.0 21 0.01
KL30-03 423 426 0.145 1450 0.21 2.8 2790 407 0.01 16 0.01 1 3.2 5.1 23 0.1
KL30-03 426 429 0.0283 283 0.15 1.3 740 376 0.01 17 0.01 1 2.5 4.9 30 0.01
KL30-03 429 432 0.0324 324 0.13 1.1 470 283 0.01 18 0.01 1 3.5 2.8 29 0.01
KL30-03 432 435 0.0218 218 0.09 0.8 293 126 0.01 10 0.01 1 1.5 8.0 26 0.01
KL30-03 435 438 0.072 720 0.12 5.6 2560 2440 0.01 48 0.01 1 5.7 1.2 24 0.01
KL30-03 438 441.2 0.0087 87 0.03 0.1 136 65 0.01 4 0.01 1 2.1 0.6 25 0.01
KL30-03 441.2 444 0.0021 21 0.02 0.1 25 8 0.01 1 0.01 1 0.5 0.6 24 0.01
KL30-03 444 447 0.0022 22 0.01 0.1 17 9 0.01 1 0.01 1 0.5 0.8 24 0.01
KL30-03 447 450 0.0142 142 0.04 0.1 45 10 0.01 2 0.01 1 1 1.7 31 0.01
KL30-03 450 453 0.098 980 0.09 1.2 78 12 0.01 10 0.01 1 1.1 1.1 27 0.01
KL30-03 453 456 0.089 890 0.07 0.8 89 10 0.01 5 0.01 1 0.5 0.6 24 0.01
KL30-03 456 459 0.0361 361 0.04 0.1 73 8 0.01 3 0.01 1 0.5 1.1 28 0.01
KL30-03 459 462 0.0158 158 0.04 0.1 165 84 0.01 6 0.01 1 2.5 0.6 30 0.01
KL30-03 462 465 0.0283 283 0.09 0.1 60 9 0.01 4 0.01 1 0.8 0.0 28 0.01
KL30-03 465 468 0.0057 57 0.04 0.1 47 11 0.01 6 0.01 1 1 0.0 32 0.12
KL30-03 468 471 0.0047 47 0.02 0.1 38 8 0.01 3 0.01 1 0.6 0.0 31 0.1
KL30-03 471 474 0.0036 36 0.08 0.1 41 6 0.01 2 0.01 1 1.2 0.0 33 0.16
KL30-03 474 477 0.0048 48 0.08 0.1 56 6 0.01 11 0.01 1 1.9 0.0 36 0.23
KL30-03 477 480 0.0297 297 0.04 0.1 78 7 0.01 15 0.01 1 1.1 0.6 36 0.15
KL30-03 480 483 0.072 720 0.06 0.1 115 11 0.01 5 0.01 1 1.1 1.2 27 0.14
KL30-03 483 486 0.063 630 0.04 0.1 98 12 0.01 2 0.01 1 0.8 0.9 24 0.1
KL30-04 0 3 0.0059 59 0.01 0.1 35 25 9 3 0.01 1 0.01 1.0 22 0.01
KL30-04 3 6 0.008 80 0.01 0.1 45 17 6 3 0.01 2 0.5 1.2 22 0.01
KL30-04 6 9 0.005 50 0.01 0.1 56 24 11 4 0.01 3 0.9 0.5 31 0.01
KL30-04 9 12 0.0057 57 0.01 0.1 66 61 12 4 0.01 3 1.1 0.7 30 0.01
KL30-04 12 15 0.007 70 0.01 1.4 2110 480 12 2 0.01 3 1.4 2.5 35 0.01
KL30-04 15 18 0.0075 75 0.01 0.6 164 48 9 3 0.01 3 0.4 1.0 26 0.01
KL30-04 18 21 0.0029 29 0.01 0.6 53 25 11 3 0.01 3 0.7 1.2 24 0.01
KL30-04 21 24 0.0029 29 0.01 1.5 1770 820 14 3 0.01 2 1.6 1.0 25 0.01
KL30-04 24 27 0.0037 37 0.01 0.6 131 106 9 2 0.01 2 0.9 1.5 25 0.01
KL30-04 27 30 0.0061 61 0.01 1.3 182 225 8 2 0.01 1 1.8 1.8 26 0.01
KL30-04 30 33 0.0041 41 0.01 0.1 40 28 11 2 0.01 1 0.01 1.0 23 0.01
KL30-04 33 36 0.0031 31 0.01 0.1 27 16 5 1 0.01 1 0.01 0.8 27 0.01
KL30-04 36 39 0.005 50 0.01 0.1 28 18 8 3 0.01 1 0.4 1.0 28 0.01
KL30-04 39 42 0.0074 74 0.04 0.9 107 105 13 1 0.01 1 10.6 0.7 24 0.01
KL30-04 42 45 0.007 70 0.04 0.1 37 23 6 2 0.01 1 0.5 1.2 21 0.01
KL30-04 45 48 0.0153 153 0.18 1 401 83 31 1 0.01 1 9.1 2.5 20 0.01
KL30-04 48 51 0.0041 41 0.01 0.1 24 25 13 1 0.01 1 1.1 2.0 26 0.01
KL30-04 51 54 0.0032 32 0.01 0.1 34 27 10 1 0.01 2 0.3 0.8 33 0.01
KL30-04 54 57 0.0046 46 0.01 0.1 36 19 3 1 0.01 3 0.2 0.9 32 0.01
KL30-04 57 60 0.006 60 0.01 0.1 18 13 5 1 0.01 1 0.01 1.2 30 0.01



Appendix V - 178 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-04 60 63 0.006 60 0.01 0.1 20 10 6 2 0.01 1 0.01 0.8 30 0.01
KL30-04 63 66 0.004 40 0.01 0.1 17 9 3 4 0.01 1 0.01 0.7 29 0.01
KL30-04 66 69 0.0044 44 0.01 0.1 26 14 5 1 0.01 1 0.3 1.6 26 0.01
KL30-04 69 72 0.003 30 0.01 0.1 34 18 6 1 0.01 1 0.01 0.5 20 0.01
KL30-04 72 75 0.0033 33 0.01 0.1 28 10 3 1 0.01 1 0.01 0.6 35 0.01
KL30-04 75 78 0.005 50 0.01 0.1 48 14 4 1 0.01 1 0.2 0.5 63 0.01
KL30-04 78 81 0.0049 49 0.01 0.1 50 21 4 1 0.01 1 0.01 0.7 54 0.01
KL30-04 81 84.1 0.0107 107 0.01 0.1 51 24 16 1 0.01 2 1.4 0.0 56 0.01
KL30-04 84.1 87 0.0257 257 0.04 0.5 89 106 16 4 0.01 4 2.2 1.2 76 0.01
KL30-04 87 90 0.0133 133 0.14 1.2 277 236 35 3 0.01 7 3.6 4.5 44 0.01
KL30-04 90 93 0.0246 246 0.09 8.8 5100 6300 64 6 1 2 15.4 10.8 11 0.01
KL30-04 93 96 0.0047 47 0.08 1.2 750 840 8 18 0.01 1 2.2 1.5 12 0.01
KL30-04 96 98.2 0.0065 65 0.06 1.1 540 560 12 5 0.01 1 6.1 1.2 22 0.01
KL30-04 98.2 102 0.0283 283 0.16 5.3 820 860 61 3 8 1 7.7 5.9 38 0.01
KL30-04 102 105 0.0239 239 1.21 8.7 2100 3600 90 13 8 1 14.5 5.6 45 0.13
KL30-04 105 108.1 0.0102 102 0.56 1.8 88 267 27 14 0.01 1 6.2 1.2 27 0.01
KL30-04 108.1 112 0.0165 165 0.11 1.2 430 235 20 8 1 1 3.1 6.9 28 0.01
KL30-04 112 114.8 0.0057 57 0.05 1.6 550 670 10 2 0.01 1 2.1 0.8 16 0.01
KL30-04 114.8 118.3 0.0098 98 0.01 0.6 80 185 5 6 0.01 1 0.5 0.7 15 0.01
KL30-04 118.3 121 0.0094 94 0.01 0.5 53 92 4 8 0.01 1 0.4 0.6 17 0.01
KL30-04 121 123 0.0108 108 0.01 1 137 155 5 5 0.01 1 1.1 0.7 22 0.01
KL30-04 123 126 0.0066 66 0.01 0.1 21 34 2 3 0.01 1 0.01 0.0 19 0.01
KL30-04 126 129 0.0098 98 0.01 0.1 21 28 2 4 0.01 1 1.2 0.0 17 0.01
KL30-04 129 132 0.0076 76 0.02 0.1 49 74 2 6 0.01 1 0.6 0.0 14 0.01
KL30-04 132 135 0.0088 88 0.06 1.3 730 520 3 7 0.01 1 1.7 1.6 18 0.01
KL30-04 135 138 0.0089 89 0.09 1.1 64 80 8 12 0.01 1 1.2 1.0 20 0.01
KL30-04 138 141 0.0144 144 0.12 5.4 720 1530 23 14 2 2 5.6 3.0 32 0.01
KL30-04 141 144 0.0079 79 0.21 1.4 243 520 10 8 0.01 1 4.3 1.7 27 0.01
KL30-04 144 147 0.0205 205 0.34 12.6 2770 3400 26 8 21 2 11.8 16.7 49 0.15
KL30-04 147 150 0.0328 328 0.86 16.7 5700 5600 180 36 14 3 26 11.5 60 0.5
KL30-04 150 153 0.0073 73 0.31 3.7 660 1220 19 12 3 2 6.1 3.5 32 0.01
KL30-04 153 154.6 0.0058 58 0.23 3.4 1300 1570 24 14 2 2 6.5 4.2 19 0.01
KL30-04 154.6 157.6 0.0019 19 0.08 1.1 198 320 7 6 0.01 2 3.7 1.6 23 0.01
KL30-04 157.6 160.2 0.0022 22 0.06 1 137 227 5 6 1 2 3.1 1.6 30 0.01
KL30-04 160.2 163.3 0.0049 49 0.06 6.6 357 1660 13 10 10 3 2.8 5.5 26 0.01
KL30-04 163.3 166.6 0.0075 75 0.44 2.6 500 358 34 30 3 2 4.8 6.0 29 0.01
KL30-04 166.6 169.5 0.004 40 0.11 0.8 116 107 23 45 2 2 5.4 2.7 30 0.01
KL30-04 169.5 172.9 0.0035 35 0.1 1 76 95 26 34 1 6 2.3 2.5 24 0.01
KL30-04 172.9 175 0.0032 32 0.05 2.2 241 120 5 13 1 1 2.2 1.3 21 0.11
KL30-04 175 177 0.0019 19 0.04 1.1 62 131 3 24 1 1 1.1 1.6 32 0.01
KL30-04 177 180 0.0025 25 0.07 1.6 123 480 24 17 4 2 1.7 3.5 30 0.01
KL30-04 180 182.3 0.0018 18 0.04 1.1 70 430 7 8 1 2 1.4 1.5 29 0.01
KL30-04 182.3 186.5 0.0199 199 0.1 6.1 129 630 48 27 5 2 24 2.0 31 0.01
KL30-04 186.5 189.5 0.0124 124 0.16 5.6 1280 1570 53 38 13 2 14 2.7 38 0.19
KL30-04 189.5 192 0.0032 32 0.07 9.1 215 2140 8 40 18 2 2.6 3.1 30 0.01
KL30-04 192 195.4 0.0042 42 0.05 3.2 370 1400 9 26 5 2 4 4.2 30 0.01
KL30-04 195.4 198.7 0.0044 44 0.04 1.6 570 640 9 25 2 3 1.8 3.4 19 0.01
KL30-04 198.7 201.3 0.0112 112 0.06 3.4 1500 1220 19 63 7 2 4.6 5.5 14 0.01
KL30-04 201.3 204 0.0279 279 0.18 2.8 1020 960 100 54 3 3 14.5 7.7 22 0.11
KL30-04 204 207.5 0.0187 187 0.09 2.5 890 1180 27 47 2 2 8.3 6.7 14 0.01
KL30-04 207.5 210 0.075 750 0.26 13 5300 2200 210 126 22 3 17 7.3 18 0.32
KL30-04 210 213 0.0242 242 0.13 2.2 880 940 51 85 3 2 8.4 6.5 20 0.01
KL30-04 213 216 0.0192 192 0.07 2.1 800 910 31 108 3 3 7.6 4.5 18 0.01
KL30-04 216 219 0.046 460 0.14 7.2 2750 3000 210 135 12 2 12 6.6 15 0.11
KL30-04 219 222 0.33 3300 1.15 27.4 10500 5000 470 433 56 7 22 34.9 33 0.88
KL30-04 222 225 0.32 3200 1.28 18.1 11800 3800 540 103 44 6 32 30.0 28 0.85
KL30-04 225 228 0.11 1100 0.44 15.4 5900 2900 330 197 24 3 26 7.6 19 0.42
KL30-04 228 231 0.37 3700 0.69 32.8 20000 7000 840 186 57 7 75 36.2 28 1.05
KL30-04 231 234 1.02 10200 3.2 15.8 7000 520 540 95 138 17 10 45.7 45 1.02
KL30-04 234 237 0.66 6600 2.27 8.5 2170 930 110 106 41 12 5 34.0 45 0.26
KL30-04 237 239.5 1 10000 2.85 5 1000 279 150 56 36 13 5.7 39.5 146 0.5
KL30-04 239.5 243 0.25 2500 0.4 2.4 244 151 240 45 14 17 6.6 105.0 254 0.2
KL30-04 243 246 0.168 1680 0.46 2.6 173 132 220 138 10 46 10.2 43.0 184 0.38



Appendix V - 179 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-04 246 248.5 0.27 2700 0.38 2.3 224 143 430 227 8 38 22 45.8 226 0.19
KL30-04 248.5 251.5 0.27 2700 0.33 2.6 124 71 500 698 4 38 34 20.0 103 0.21
KL30-04 251.5 254.5 0.2 2000 0.37 1.8 134 48 200 336 5 65 12.7 42.0 80 0.1
KL30-04 254.5 258 0.56 5600 0.35 1.6 56 39 450 307 3 63 20 41.6 287 0.01
KL30-04 258 261 0.55 5500 0.23 1.8 47 38 600 206 2 73 20 46.4 289 0.01
KL30-04 261 264 0.198 1980 0.28 1.2 62 51 310 449 3 89 16 46.5 331 0.01
KL30-04 264 267 0.66 6600 0.47 1.5 60 62 180 280 3 109 6 45.5 216 0.01
KL30-04 267 270 1.39 13900 0.43 2 36 32 170 347 2 126 7.8 58.0 193 0.01
KL30-04 270 273 0.33 3300 0.39 0.7 37 30 220 528 4 120 11.2 49.5 238 0.01
KL30-04 273 276 2.05 20500 0.83 6.7 92 52 300 215 7 106 12.6 30.5 268 0.01
KL30-04 276 277.6 2.78 27800 1.76 6.6 407 88 600 151 8 151 20 56.5 328 0.12
KL30-04 277.6 280.6 0.71 7100 1.24 2.5 130 73 610 70 8 74 18.7 48.3 259 0.01
KL30-04 280.6 283.6 0.3 3000 1.49 3.6 378 295 650 31 47 58 24 65.8 316 0.1
KL30-04 283.6 287 0.58 5800 0.92 1.7 90 56 1210 67 14 47 55 61.3 260 0.1
KL30-04 287 290 0.31 3100 1.16 1.5 64 45 880 206 14 26 36 60.8 308 0.01
KL30-04 290 292.5 0.545 5450 2 4.1 97 72 990 145 106 8 30 47.3 285 0.01
KL30-04 292.5 295 0.43 4300 1.73 22.4 36000 4100 820 223 77 11 16.4 41.0 139 0.1
KL30-04 295 297 0.485 4850 0.71 18 6100 3400 160 118 19 26 16.4 23.5 61 0.01
KL30-04 297 300 0.655 6550 0.32 26 19300 4600 150 195 28 28 5.5 45.0 57 0.01
KL30-04 300 303 0.059 590 0.14 2.4 1840 550 52 56 7 11 1.4 9.0 41 0.01
KL30-04 303 306 0.091 910 0.12 24 13100 4050 36 116 73 7 2.2 37.1 38 0.01
KL30-04 306 309 0.46 4600 0.87 23 19500 8700 180 209 32 26 11.2 22.4 54 0.1
KL30-04 309 312 0.183 1830 1.63 27 30700 20900 360 244 45 8 25 18.7 34 0.32
KL30-04 312 314 0.049 490 0.21 1.7 920 560 67 41 11 2 2.6 6.0 26 0.01
KL30-04 314 318 0.054 540 0.43 16 10200 11600 69 42 23 1 14.3 15.2 32 0.42
KL30-04 318 321 0.0186 186 0.18 4 2330 2400 30 39 11 1 3.2 11.5 22 0.01
KL30-04 321 323.5 0.017 170 0.08 2.4 800 450 23 46 8 1 1.1 4.0 29 0.01
KL30-04 323.5 326.25 0.0386 386 0.1 8.3 5500 1100 36 343 227 1 6.2 16.2 28 0.01
KL30-04 326.25 330 0.0225 225 0.08 3.4 2200 1080 41 37 11 2 2.2 9.3 26 0.01
KL30-04 330 333 0.0376 376 0.34 5.1 3800 2700 84 67 8 5 9.1 21.7 38 0.01
KL30-04 333 336 0.0321 321 0.22 4.4 2240 2500 62 82 8 2 6.9 28.6 36 0.01
KL30-04 336 339 0.051 510 0.23 5.4 2470 3700 140 99 13 3 9.5 97.0 39 0.01
KL30-04 339 342 0.0323 323 0.22 3.9 2810 1830 130 92 9 4 7.6 25.0 41 0.01
KL30-04 342 345 0.0365 365 0.2 11.1 8200 6900 71 292 8 4 15.9 35.9 44 0.01
KL30-04 345 347 0.033 330 0.15 6.9 6000 4000 110 111 13 5 7 39.0 48 0.01
KL30-04 347 350 0.082 820 0.3 12.2 5700 7200 220 136 29 8 13.9 92.0 58 0.01
KL30-04 350 352.7 0.071 710 0.3 13.5 10100 6650 160 96 16 7 12.2 53.5 39 0.01
KL30-04 352.7 355 0.018 180 0.05 0.6 205 290 9 16 3 1 0.7 10.5 25 0.01
KL30-04 355 358 0.121 1210 0.2 5.2 3500 1800 38 94 35 6 4.2 23.0 40 0.01
KL30-04 358 360 0.0395 395 0.09 2.8 1170 930 16 51 21 4 1.2 15.7 30 0.01
KL30-04 360 363 0.0287 287 0.11 2.6 1520 1180 27 62 45 2 1.7 16.2 36 0.01
KL30-04 363 366 0.3 3000 0.16 3.5 1790 480 47 251 53 12 4.8 10.2 48 0.01
KL30-04 366 369 0.0363 363 0.07 2.8 4000 3000 29 63 6 4 3.3 10.7 33 0.01
KL30-04 369 372 0.06 600 0.24 8.3 7400 4550 100 125 33 10 11.4 98.8 36 0.1
KL30-04 372 375 0.048 480 0.34 10 8900 4900 120 130 22 11 14.4 78.8 34 0.01
KL30-04 375 378 0.049 490 0.34 14.4 13700 8300 140 250 36 10 14.5 97.5 43 0.1
KL30-04 378 381 0.0271 271 0.15 6.5 5100 2700 72 85 30 9 6.9 37.5 26 0.01
KL30-04 381 384 0.0139 139 0.08 4 2850 2100 42 64 7 7 5 13.0 22 0.01
KL30-04 384 387 0.0359 359 0.18 9.7 3950 2400 59 176 68 5 10.6 30.5 18 0.01
KL30-04 387 390 0.0217 217 0.2 7.5 5700 2900 130 53 14 6 5.6 32.0 27 0.01
KL30-04 390 393 0.066 660 0.11 8.2 2890 5700 58 28 2 3 15 12.7 32 0.01
KL30-04 393 396 0.103 1030 0.15 11.5 10100 7400 60 67 18 8 14.5 36.0 28 0.01
KL30-04 396 399 0.055 550 0.08 2.1 357 1050 45 32 3 3 6.3 10.1 21 0.01
KL30-04 399 402 0.0385 385 0.05 2 395 930 30 30 3 4 3.2 5.2 28 0.01
KL30-04 402 405 0.0238 238 0.15 4 1210 1630 22 46 2 3 3.6 25.0 31 0.01
KL30-04 405 408 0.0163 163 0.04 1.3 399 259 17 83 2 3 4.1 3.5 21 0.01
KL30-04 408 411 0.0236 236 0.06 2.2 363 640 33 58 1 3 5.7 13.7 21 0.01
KL30-04 411 414 0.0166 166 0.06 1.7 610 560 21 41 2 3 2.4 7.4 19 0.01
KL30-04 414 417 0.0214 214 0.05 1.7 740 630 10 10 1 3 2.9 7.0 24 0.01
KL30-04 417 420 0.371 3710 0.25 10.7 2980 3200 52 160 14 7 19.7 10.8 31 0.01
KL30-04 420 423 0.0249 249 0.08 1.5 630 332 22 15 5 3 3.4 2.0 27 0.01
KL30-04 423 426 0.0099 99 0.1 1.2 620 280 25 4 0.01 3 2.3 3.7 22 0.01
KL30-04 426 429 0.0196 196 0.55 1.6 198 134 35 1 0.01 3 3.7 7.5 37 0.01



Appendix V - 180 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-04 429 432 0.317 3170 0.17 7 1920 2300 33 81 8 4 15.5 7.1 24 0.01
KL30-04 432 435 0.0134 134 0.05 1.3 235 55 17 15 1 4 1.9 8.7 21 0.01
KL30-04 435 439 0.0124 124 0.07 0.1 221 134 17 4 0.01 2 1.1 2.0 16 0.01
KL30-05 0 3 0.0021 21 0.01 0.1 82 103 6 4 0.01 1 0.7 0.6 13 0.01
KL30-05 3 5.5 0.0026 26 0.01 0.1 51 43 12 2 0.01 1 0.8 0.0 31 0.01
KL30-05 5.5 8.5 0.0033 33 0.01 0.1 163 112 17 5 0.01 1 1.7 1.0 28 0.01
KL30-05 8.5 11.5 0.0028 28 0.01 0.1 248 65 8 3 0.01 1 0.7 2.2 40 0.01
KL30-05 11.5 14.5 0.0017 17 0.01 0.6 67 38 14 4 0.01 1 0.9 0.6 37 0.01
KL30-05 14.5 17.5 0.0012 12 0.01 0.5 93 68 18 3 0.01 1 0.9 0.0 34 0.01
KL30-05 17.5 20.5 0.0016 16 0.01 1 188 341 15 1 0.01 1 2 0.8 31 0.01
KL30-05 20.5 23.5 0.0032 32 0.01 1.4 286 610 31 3 1 1 2.4 0.0 33 0.01
KL30-05 23.5 26.5 0.0038 38 0.02 0.9 179 304 36 4 0.01 1 2.1 0.7 31 0.01
KL30-05 26.5 29.5 0.0039 39 0.03 1.8 387 860 51 13 0.01 2 3.1 2.1 29 0.01
KL30-05 29.5 32.5 0.0015 15 0.14 3.9 212 1280 45 33 1 2 4.6 4.0 35 0.01
KL30-05 32.5 35.5 0.0016 16 0.24 17.8 281 6850 17 3 2 1 16.6 12.0 30 0.01
KL30-05 35.5 38.5 0.0012 12 0.18 2.5 268 600 16 3 0.01 1 4.1 3.0 24 0.01
KL30-05 38.5 41.5 0.004 40 0.17 2.8 256 1280 30 10 1 1 12.5 5.2 56 0.01
KL30-05 41.5 44.5 0.0018 18 0.03 1.4 274 1070 21 8 0.01 1 4 1.6 43 0.01
KL30-05 44.5 47.5 0.0078 78 0.01 4.5 550 1430 46 48 6 1 3.8 4.8 32 0.01
KL30-05 47.5 50.5 0.0063 63 0.05 10.5 2190 12000 26 57 3 1 8 3.3 23 0.01
KL30-05 50.5 53.5 0.0121 121 0.03 8.9 1210 3710 40 91 1 1 4.3 6.0 26 0.01
KL30-05 53.5 56.5 0.113 1130 0.07 8.1 700 1660 46 92 4 6 4.6 13.8 91 0.01
KL30-05 56.5 59.5 0.122 1220 0.03 6 490 630 46 36 4 2 3.8 1.7 86 0.01
KL30-05 59.5 61 0.0134 134 0.07 2.6 280 820 27 20 1 3 3.4 2.8 138 0.01
KL30-05 61 63 0.0168 168 0.03 2 500 620 35 13 1 5 5.5 2.8 166 0.01
KL30-05 63 64.9 0.0277 277 0.05 4 710 790 35 57 1 9 4 3.3 117 0.01
KL30-05 64.9 65.9 6.12 61200 0.82 203 14200 15500 1350 25 113 9 50 32.0 107 0.4
KL30-05 65.9 68.5 0.325 3250 0.26 30 5600 3140 350 45 28 3 8.6 21.4 32 0.01
KL30-05 68.5 70 0.0215 215 0.16 10.4 1330 3800 66 15 9 1 3.2 4.8 122 0.01
KL30-05 70 73 0.0133 133 0.09 2.8 106 335 34 44 0.01 1 3.8 1.8 118 0.01
KL30-05 73 76 0.07 700 0.14 8 480 3680 160 15 8 5 14 3.6 106 0.01
KL30-05 76 79 0.0295 295 0.13 14.1 610 1700 110 5 21 4 3.8 6.7 195 0.01
KL30-05 79 81.5 0.0061 61 0.1 2 278 236 32 6 1 3 1.4 2.4 146 0.01
KL30-05 81.5 84.5 0.0028 28 0.08 1.3 96 264 32 8 0.01 4 2.3 2.3 150 0.01
KL30-05 84.5 86.5 0.0046 46 0.12 1.7 144 126 29 6 1 3 1.8 2.2 220 0.01
KL30-05 86.5 89.5 0.021 210 0.11 2.7 223 163 62 9 1 2 3.7 2.5 208 0.01
KL30-05 89.5 93 0.0016 16 0.09 2.6 128 269 30 7 0.01 1 3.5 0.6 134 0.01
KL30-05 93 95.5 0.0016 16 0.05 2 166 304 24 8 0.01 1 2.3 0.5 130 0.01
KL30-05 95.5 98.5 0.0018 18 0.64 5.1 315 430 57 13 2 1 5.6 1.7 107 0.01
KL30-05 98.5 101.1 0.0012 12 0.08 2.5 164 350 40 9 0.01 1 2.8 0.0 97 0.01
KL30-05 101.1 104.3 0.0091 91 1.15 29 2500 20000 110 15 6 1 27.5 6.0 80 0.01
KL30-05 104.3 107.5 0.0054 54 0.14 8.3 3600 6650 8 6 0.01 2 9.1 4.3 32 0.01
KL30-05 107.5 110.2 0.0023 23 0.06 2.7 870 1730 9 6 0.01 1 3.2 2.1 19 0.01
KL30-05 110.2 112.9 0.016 160 0.05 8.2 2500 6700 6 9 1 1 6.4 2.7 19 0.01
KL30-05 112.9 115.7 0.0015 15 0.04 5.8 2500 3900 4 4 0.01 1 6.1 3.8 19 0.01
KL30-05 115.7 118 0.0032 32 0.04 2 450 1120 2 5 0.01 1 1.9 1.3 20 0.01
KL30-05 118 120.7 0.0008 8 0.03 1.4 178 610 7 2 0.01 1 1.5 0.8 17 0.01
KL30-05 120.7 123.1 0.0063 63 0.04 1.9 390 1180 17 30 0.01 1 1.9 2.0 21 0.01
KL30-05 123.1 125.6 0.0022 22 0.02 1.2 560 580 7 17 0.01 1 1.8 1.3 22 0.01
KL30-05 125.6 128.5 0.0102 102 0.02 4.3 810 1150 29 4 5 1 2.1 2.0 20 0.01
KL30-05 128.5 131.4 0.0079 79 0.07 8.6 4600 2800 28 3 5 1 4.6 2.7 21 0.15
KL30-05 131.4 134.5 0.0055 55 0.05 6.6 2500 3690 14 6 3 1 6.9 2.8 34 0.01
KL30-05 134.5 137.5 0.0012 12 0.41 4.5 450 680 22 5 0.01 1 3.9 2.2 29 0.01
KL30-05 137.5 140.2 0.0015 15 0.09 1.4 127 194 11 4 0.01 1 1 0.6 25 0.01
KL30-05 140.2 142.8 0.0011 11 0.13 4.6 1130 1300 9 3 0.01 1 3.2 3.2 27 0.01
KL30-05 142.8 145.8 0.0042 42 0.02 4.2 830 1890 5 2 2 1 3.1 2.1 22 0.01
KL30-05 145.8 148.8 0.0022 22 0.01 2.9 750 1300 7 10 0.01 1 2.8 1.9 14 0.01
KL30-05 148.8 150.3 0.0014 14 0.01 1.9 268 740 5 4 0.01 1 1.8 1.8 15 0.01
KL30-05 150.3 153.3 0.002 20 0.02 2 670 880 7 10 0.01 1 1.3 1.4 12 0.01
KL30-05 153.3 156 0.0095 95 0.01 2.8 1020 1440 6 10 0.01 1 4.5 1.5 15 0.01
KL30-05 156 157.5 0.0165 165 0.01 1.6 240 440 4 7 0.01 1 2 1.2 13 0.01
KL30-05 157.5 160 0.0062 62 0.02 3.4 780 890 9 6 0.01 1 3.3 1.9 12 0.01
KL30-05 160 163 0.0018 18 0.02 2.3 323 930 3 4 0.01 1 2.3 1.3 10 0.01



Appendix V - 181 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-05 163 166 0.0028 28 0.05 2.9 1200 710 7 4 0.01 1 3.9 1.2 12 0.01
KL30-05 166 168.9 0.0083 83 0.06 10.8 1840 4990 12 24 0.01 1 11.7 3.1 15 0.01
KL30-05 168.9 171.7 0.052 520 0.15 124 67900 91700 70 45 2 1 140 15.5 20 0.21
KL30-05 171.7 174.7 0.0122 122 0.08 42 9400 29700 21 5 2 1 40 8.1 16 0.01
KL30-05 174.7 177.1 0.0051 51 0.2 15.6 5300 7400 19 2 0.01 1 13.9 4.5 14 0.23
KL30-05 177.1 179.3 0.0027 27 0.29 4 1130 980 15 1 0.01 1 3.1 3.2 16 0.01
KL30-05 179.3 181.7 0.0057 57 0.28 9.8 8900 6300 21 7 3 1 8.8 3.4 12 0.56
KL30-05 181.7 184 0.0151 151 0.13 16.9 19600 13100 19 6 1 1 16.7 11.0 14 0.11
KL30-05 184 187 0.0091 91 0.05 3.3 2640 1220 15 4 0.01 1 2 2.5 13 0.01
KL30-05 187 189.7 0.01 100 0.11 5.2 9000 2800 11 36 7 1 6.2 4.1 16 0.25
KL30-05 189.7 192.6 0.0072 72 0.01 1.1 770 610 6 6 0.01 2 1.8 2.0 12 0.01
KL30-05 192.6 195.2 0.0106 106 0.3 5.1 5900 3200 15 6 0.01 1 6.3 3.6 13 0.26
KL30-05 195.2 197.4 0.006 60 0.11 3.6 5400 2020 12 7 1 1 5.3 2.5 12 0.16
KL30-05 197.4 200.1 0.009 90 0.17 3.8 2370 2450 15 8 2 1 3.7 4.5 16 0.01
KL30-05 200.1 202 0.0078 78 0.12 2.1 2700 2070 9 5 1 1 3 2.9 14 0.01
KL30-05 202 205 0.0069 69 0.12 3.9 3260 3270 13 12 1 2 6.2 6.3 13 0.13
KL30-05 205 208 0.0042 42 0.21 6.3 7100 3800 13 10 1 1 5.1 5.7 12 0.34
KL30-05 208 211 0.0055 55 0.34 3.8 2000 1460 22 9 2 1 5.9 4.5 12 0.01
KL30-05 211 213.3 0.005 50 0.17 2.1 2000 840 9 10 1 1 5.1 4.6 13 0.18
KL30-05 213.3 215.9 0.0143 143 0.15 1.5 3600 1250 18 9 2 1 3.9 2.6 13 0.14
KL30-05 215.9 218.5 0.013 130 0.18 4.6 6000 1890 15 54 12 3 4.5 5.6 15 0.24
KL30-05 218.5 221.5 0.0097 97 0.16 4.1 2340 1300 60 23 7 2 5.8 5.5 12 0.01
KL30-05 221.5 224.2 0.012 120 0.11 2.6 2340 1510 28 9 1 2 4.4 4.8 14 0.01
KL30-05 224.2 226.2 0.0233 233 0.16 2.4 2090 1070 57 32 6 2 3.1 4.5 19 0.01
KL30-05 226.2 228.8 0.058 580 0.16 3.2 690 760 30 30 10 3 1.8 6.5 15 0.01
KL30-05 228.8 231 0.364 3640 1.03 12.4 338 284 64 580 340 12 2.9 19.5 37 0.01
KL30-05 231 233.5 0.0314 314 0.21 2.5 790 450 41 1210 26 4 3 4.3 35 0.01
KL30-05 233.5 236.5 0.0293 293 0.12 1.2 67 45 40 1400 26 3 0.4 2.8 21 0.01
KL30-05 236.5 239.5 0.0354 354 0.18 3.6 1830 229 69 1240 61 6 3.1 4.3 27 0.01
KL30-05 239.5 241.8 0.36 3600 0.76 18.5 8400 470 83 670 203 29 3.4 14.5 21 0.01
KL30-05 241.8 244 0.75 7500 1.09 34 7550 1440 1050 125 89 20 60 19.3 45 0.01
KL30-05 244 247 0.303 3030 0.49 8.1 800 185 64 1440 16 14 5.1 14.3 25 0.01
KL30-05 247 250 0.357 3570 1.12 7.6 430 135 49 970 6 18 1.7 17.3 21 0.01
KL30-05 250 253 0.064 640 0.3 1.8 86 56 41 1065 44 4 0.5 6.3 25 0.01
KL30-05 253 256 0.292 2920 0.56 4 141 41 19 690 4 8 0.7 6.8 23 0.01
KL30-05 256 259 0.259 2590 0.64 4.8 760 138 56 92 9 9 8.9 8.0 30 0.01
KL30-05 259 262 0.418 4180 0.87 5.8 125 41 68 61 8 14 3 8.5 31 0.11
KL30-05 262 265 0.76 7600 2.47 11.1 2350 56 68 10 90 34 3.6 21.8 41 0.01
KL30-05 265 268 0.8 8000 1.37 9.2 730 70 73 118 45 41 3.3 21.6 66 0.1
KL30-05 268 271 0.325 3250 0.88 3.3 510 450 22 365 84 14 2.2 14.1 146 0.01
KL30-05 271 274 0.64 6400 2.6 7.8 10300 148 33 99 177 40 0.7 17.3 31 0.01
KL30-05 274 277 0.114 1140 0.37 3.8 7200 940 89 11 16 12 21.5 15.3 16 1
KL30-05 277 279 0.39 3900 0.71 8 10100 850 590 28 26 32 27 19.8 37 1.66
KL30-05 279 281.1 0.19 1900 0.34 2 5400 45 310 20 14 23 17.4 16.0 30 1.13
KL30-05 281.1 284.5 0.92 9200 2 5.4 13800 70 68 5 28 80 5.5 31.3 73 0.58
KL30-05 284.5 287.5 1.2 12000 1.88 4.2 1180 95 25 72 9 142 4.8 32.5 59 0.01
KL30-05 287.5 290.5 1.78 17800 1.65 5 3950 136 27 28 4 33 3.2 14.8 44 0.01
KL30-05 290.5 293.5 3.69 36900 2.88 11.8 550 124 41 68 3 60 4.9 58.0 141 0.13
KL30-05 293.5 296.5 3.36 33600 2.58 7.2 276 208 12 79 1 65 3.5 25.3 61 0.01
KL30-05 296.5 299.5 3.99 39900 3.25 7.8 460 64 4 72 1 58 0.8 20.5 38 0.01
KL30-05 299.5 302.5 2.56 25600 2.4 5.8 286 62 6 63 2 49 1.5 13.7 50 0.01
KL30-05 302.5 305.5 5.11 51100 4.05 12.2 1070 386 25 54 1 55 4.5 28.0 51 0.01
KL30-05 305.5 308.5 5.02 50200 4.42 8 1190 420 33 84 1 52 5.8 34.0 54 0.01
KL30-05 308.5 311.5 6.07 60700 4.82 14 570 134 54 57 1 67 4.6 19.0 113 0.01
KL30-05 311.5 314.5 3.1 31000 1.16 15.4 2800 640 3600 510 1 48 80 33.0 261 1.2
KL30-05 314.5 316.9 2.1 21000 0.45 5.7 256 98 45 1210 1 43 0.6 17.0 132 0.38
KL30-05 316.9 319 2.32 23200 0.33 6.5 2650 780 830 1280 1 51 26.5 18.0 152 1.57
KL30-05 319 322 2.02 20200 0.85 4.7 670 150 25 389 1 71 0.01 17.5 82 0.37
KL30-05 322 325 2.04 20400 0.93 17.3 3450 980 1120 126 1 98 6.3 17.3 121 1.68
KL30-05 325 328 1.03 10300 0.42 4.2 280 179 240 186 2 43 2.1 10.5 115 0.54
KL30-05 328 331 0.84 8400 0.51 16.4 1370 490 760 170 16 40 9.8 14.0 157 0.8
KL30-05 331 334 0.94 9400 0.41 2.7 520 470 60 231 0.01 32 0.5 11.3 258 0.39
KL30-05 334 337 0.99 9900 0.49 4.8 670 950 400 322 0.01 42 4 17.3 163 0.7



Appendix V - 182 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-05 337 340 1.37 13700 0.37 4.1 372 199 600 467 2 48 10.9 13.3 146 0.46
KL30-05 340 341.5 1.89 18900 0.5 6.1 830 324 120 390 1 47 0.5 13.1 126 0.87
KL30-05 341.5 344.5 1.27 12700 0.65 8.6 9000 3750 1890 310 2 38 17.3 16.0 94 5.93
KL30-05 344.5 347.5 1.34 13400 0.34 3.8 3700 430 64 115 0.01 38 0.2 12.1 49 1.51
KL30-05 347.5 350.5 0.94 9400 0.37 1.8 480 215 9 170 0.01 28 0.6 10.3 58 0.01
KL30-05 350.5 353.5 0.88 8800 0.41 1.6 1520 460 210 530 0.01 37 2.4 12.5 108 0.49
KL30-05 353.5 356.5 1.15 11500 0.5 4.4 308 240 250 220 1 28 5.1 9.5 66 0.01
KL30-05 356.5 359.5 1.17 11700 0.76 2.7 172 34 16 179 1 34 0.01 8.8 70 0.01
KL30-05 359.5 362.5 1.04 10400 0.43 2 1430 349 62 371 1 43 0.4 9.8 87 0.12
KL30-05 362.5 365.5 1.22 12200 0.5 1.5 90 17 3 590 0.01 65 0.01 11.3 67 0.01
KL30-05 365.5 368.5 1.54 15400 0.68 2 97 50 5 280 0.01 45 0.4 12.1 90 0.01
KL30-05 368.5 371.5 1.46 14600 0.75 2.4 54 17 8 470 0.01 35 0.01 11.4 53 0.01
KL30-05 371.5 374.5 0.93 9300 0.67 2.5 1140 1310 24 180 0.01 19 0.4 9.7 84 0.01
KL30-05 374.5 377.5 0.82 8200 0.43 1.6 98 402 18 240 1 31 0.4 9.0 61 0.01
KL30-05 377.5 380.5 1.48 14800 0.5 2.3 202 149 5 500 0.01 32 0.01 7.4 77 0.01
KL30-05 380.5 383.5 1.56 15600 0.71 2.3 145 490 3 600 0.01 29 0.3 10.5 128 0.01
KL30-05 383.5 385.5 2.72 27200 1.28 3.1 127 35 3 4000 0.01 45 0.01 13.0 79 0.01
KL30-05 385.5 386.9 0.82 8200 1.13 2.2 227 101 20 430 0.01 10 2.4 8.5 56 0.01
KL30-05 386.9 389.5 3.19 31900 1.06 3.9 145 22 2 980 0.01 41 0.01 15.8 92 0.01
KL30-05 389.5 392.1 3.59 35900 1.2 4.4 157 27 10 1130 0.01 44 0.2 21.0 99 0.01
KL30-05 392.1 394 1.59 15900 0.15 2.5 310 291 19 500 1 11 1.9 10.3 130 0.01
KL30-05 394 397 0.96 9600 0.12 6.3 1840 610 450 392 4 7 3.2 10.8 354 0.3
KL30-05 397 400 1.37 13700 0.25 2.6 1250 308 220 126 2 9 1.1 11.5 271 0.29
KL30-05 400 403 0.9 9000 0.38 1.4 94 32 13 136 1 13 0.3 9.8 190 0.01
KL30-05 403 406 1.32 13200 0.53 3 980 413 46 129 0.01 10 1.7 9.3 250 0.01
KL30-05 406 409 1.46 14600 1.3 2.8 88 45 145 83 1 12 2.3 11.8 316 0.01
KL30-05 409 412 0.91 9100 0.24 2.2 480 125 310 60 2 4 34 8.8 319 0.21
KL30-05 412 414.5 1.05 10500 0.16 1.5 102 27 27 71 1 4 1.5 7.0 170 0.01
KL30-05 414.5 416 0.97 9700 0.23 1.3 111 37 20 76 2 3 5.3 7.3 184 0.01
KL30-05 416 418.5 1.01 10100 0.52 1.4 68 22 2 159 1 3 0.6 8.1 170 0.01
KL30-05 418.5 421 1.64 16400 0.77 2.6 68 35 2 60 1 6 0.4 5.5 194 0.01
KL30-05 421 424 1.51 15100 0.73 1.9 103 34 3 95 1 7 0.2 8.5 99 0.01
KL30-05 424 427 1.01 10100 0.17 1.4 154 51 70 82 1 6 4.5 7.0 134 0.01
KL30-05 427 428.7 0.62 6200 0.14 1 303 93 50 397 0.01 9 1 4.8 254 0.14
KL30-05 428.7 431.3 0.87 8700 0.19 6.9 2900 6310 1510 126 5 12 46 10.7 241 0.9
KL30-05 431.3 434.4 0.85 8500 0.21 2.3 62 34 24 178 0.01 8 0.5 7.6 87 0.01
KL30-05 434.4 437 1.04 10400 0.25 1.7 281 80 60 165 0.01 10 0.8 9.5 253 0.12
KL30-05 437 439.6 0.46 4600 0.12 1.1 323 139 20 107 0.01 5 0.4 5.5 123 0.01
KL30-05 439.6 442.5 0.74 7400 0.14 1.3 415 103 76 93 0.01 6 0.8 5.3 268 0.01
KL30-05 442.5 444 0.88 8800 0.29 1.4 81 23 4 181 0.01 5 0.4 4.0 261 0.01
KL30-05 444 447 1.01 10100 0.22 1.7 186 122 140 172 0.01 8 1.4 6.8 275 0.01
KL30-05 447 450 1.69 16900 0.75 2.7 70 66 6 174 1 9 0.5 9.5 326 0.01
KL30-05 450 453 1.18 11800 0.67 29.5 510 334 1140 183 43 9 35 7.3 305 0.3
KL30-05 453 456 1.32 13200 0.45 6 1250 570 320 160 2 8 4.5 8.5 366 0.32
KL30-05 456 459 1.83 18300 0.52 6.9 530 387 280 232 3 30 3.3 10.0 254 0.19
KL30-05 459 462 1.73 17300 0.46 2.5 620 450 36 271 0.01 30 0.7 13.3 323 0.25
KL30-05 462 465 1.27 12700 0.56 1.8 56 23 5 197 0.01 25 0.6 10.0 317 0.01
KL30-05 465 468 1.45 14500 0.57 3 197 105 43 268 2 24 1 10.0 335 0.01
KL30-05 468 471 1.31 13100 0.52 2 690 291 16 117 0.01 22 0.4 9.5 314 0.01
KL30-05 471 474 1.65 16500 0.64 3 530 500 19 286 0.01 18 0.7 8.3 399 0.01
KL30-05 474 477 1.36 13600 0.29 1.6 300 115 50 357 0.01 13 0.6 7.5 378 0.01
KL30-05 477 480 0.8 8000 0.18 1.8 171 177 390 370 0.01 8 42 7.0 390 0.12
KL30-05 480 483 0.96 9600 0.51 9.5 76 50 320 670 3 8 76 6.5 360 0.48
KL30-05 483 486 0.82 8200 0.21 1.5 112 58 32 480 0.01 9 2.7 7.0 380 0.01
KL30-05 486 489 0.63 6300 0.14 1.2 47 45 18 138 0.01 8 2.9 6.0 117 0.01
KL30-05 489 492 0.513 5130 0.1 0.8 212 274 50 140 0.01 7 2.7 6.3 244 0.15
KL30-05 492 494.1 1.07 10700 0.33 1.9 68 37 5 283 0.01 20 0.3 6.3 106 0.01
KL30-05 494.1 496.2 2.36 23600 1.21 4.2 117 11 1 95 0.01 43 0.01 19.0 33 0.01
KL30-05 496.2 498 1.5 15000 0.48 2.7 109 12 1 250 1 44 0.2 12.0 36 0.01
KL30-05 498 501 1.1 11000 0.35 2.1 125 10 0.01 55 0.01 44 0.01 11.0 51 0.01
KL30-05 501 504 0.77 7700 0.29 1.7 116 9 0.01 205 0.01 36 0.01 6.5 30 0.01
KL30-05 504 507 1.24 12400 0.43 1.8 98 8 0.01 44 0.01 35 0.01 8.5 36 0.01
KL30-05 507 510 1.34 13400 0.53 1.7 137 12 2 45 0.01 35 0.3 7.0 31 0.01



Appendix V - 183 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-05 510 513 0.45 4500 0.2 0.7 75 9 2 275 0.01 24 0.3 2.3 17 0.01
KL30-05 513 515.2 1.99 19900 0.65 2.4 124 10 0.01 530 0.01 56 0.01 14.2 30 0.01
KL30-05 515.2 518.2 0.72 7200 0.33 1.1 82 12 6 163 0.01 32 0.3 6.0 18 0.01
KL30-05 518.2 521.2 1.51 15100 0.57 2.6 145 10 2 28 0.01 40 0.3 9.0 31 0.01
KL30-05 521.2 524.2 1.33 13300 0.6 2.7 139 15 4 57 0.01 44 3.4 9.5 26 0.01
KL30-05 524.2 527.2 1.76 17600 0.68 3 125 11 1 170 0.01 36 0.01 13.8 11 0.01
KL30-05 527.2 530.2 1.36 13600 0.59 2.2 100 9 4 173 0.01 27 0.2 11.0 25 0.01
KL30-05 530.2 533.2 1.47 14700 0.81 2.4 136 19 12 243 0.01 32 0.2 10.0 46 0.01
KL30-05 533.2 536.2 1.78 17800 0.73 2.3 195 14 2 140 0.01 33 0.01 13.0 29 0.01
KL30-05 536.2 538.5 0.57 5700 0.21 0.7 80 12 2 40 0.01 16 0.01 5.8 43 0.01
KL30-05 538.5 540 0.442 4420 0.15 0.6 60 7 5 234 0.01 12 0.01 3.1 43 0.01
KL30-05 540 542.9 0.7 7000 0.25 0.9 70 12 1 335 0.01 20 0.01 6.3 42 0.01
KL30-05 542.9 546 0.84 8400 0.33 1.3 69 6 5 139 0.01 14 0.3 4.8 32 0.01
KL30-05 546 548.6 1.13 11300 0.37 1.8 90 8 3 212 0.01 18 0.2 6.2 17 0.01
KL30-05 548.6 550.7 0.375 3750 0.25 0.7 50 8 4 19 0.01 9 0.01 3.8 30 0.01
KL30-05 550.7 553 0.69 6900 0.24 0.8 41 6 2 540 0.01 10 0.01 4.0 42 0.01
KL30-05 553 555 0.28 2800 0.1 0.6 33 1 1 50 0.01 6 0.01 3.5 15 0.01
KL30-05 555 558 0.45 4500 0.14 0.9 237 63 14 171 0.01 9 0.5 5.0 22 0.01
KL30-05 558 561 0.47 4700 0.11 3.3 3200 880 160 80 0.01 7 93 6.5 51 0.47
KL30-05 561 564 0.488 4880 0.12 1 43 7 2 44 0.01 10 0.5 5.5 58 0.01
KL30-05 564 567 0.518 5180 0.2 1.3 83 24 2 78 0.01 8 0.6 5.3 54 0.01
KL30-05 567 570 0.78 7800 0.39 1.6 76 6 1 27 0.01 15 0.2 6.0 27 0.01
KL30-05 570 573 0.467 4670 0.28 0.9 75 7 5 15 0.01 14 0.3 4.3 34 0.01
KL30-05 573 576 0.75 7500 0.23 1.5 121 24 120 218 0.01 16 4.6 7.0 31 0.01
KL30-05 576 579 0.37 3700 0.16 0.8 130 30 3 35 0.01 21 0.2 5.0 54 0.01
KL30-05 579 582 0.33 3300 0.14 0.6 118 7 1 28 0.01 16 0.01 3.3 52 0.01
KL30-05 582 585 0.17 1700 0.13 2 314 359 0.01 6 0.01 8 0.7 4.5 48 0.01
KL30-05 585 588 0.28 2800 0.09 0.7 60 5 1 84 0.01 9 0.01 2.8 46 0.01
KL30-05 588 591 0.36 3600 0.26 0.9 65 5 1 15 0.01 8 0.01 4.5 38 0.01
KL30-05 591 594 0.62 6200 0.14 1.1 55 18 2 49 0.01 9 0.3 4.4 98 0.01
KL30-05 594 597 0.21 2100 0.05 0.1 43 10 1 27 0.01 9 0.01 1.3 59 0.01
KL30-05 597 600 0.39 3900 0.09 1.9 153 51 92 189 0.01 11 13.4 5.5 66 0.01
KL30-05 600 603 1.05 10500 0.26 1.7 94 7 2 71 0.01 17 0.3 7.9 20 0.01
KL30-05 603 606 0.26 2600 0.09 0.8 112 6 1 143 0.01 4 0.2 3.3 18 0.01
KL30-05 606 609 0.17 1700 0.07 0.6 50 10 2 51 0.01 4 0.4 2.3 26 0.01
KL30-05 609 612.3 0.224 2240 0.11 28.2 4300 9700 84 57 2 8 9.7 4.4 333 0.72
KL30-05 612.3 614 0.56 5600 0.03 3.6 230 134 74 185 0.01 2 6.8 4.8 108 0.01
KL30-05 614 615.9 0.24 2400 0.03 1.6 214 100 65 134 0.01 4 5.3 3.3 111 0.1
KL30-05 615.9 618 0.44 4400 0.09 1.1 101 36 12 31 0.01 5 0.8 2.5 141 0.01
KL30-05 618 621 0.69 6900 0.24 0.8 48 10 4 86 0.01 12 0.2 5.1 377 0.01
KL30-05 621 624 0.25 2500 0.06 0.5 34 8 15 32 0.01 5 1.2 2.8 120 0.01
KL30-05 624 627 0.56 5600 0.27 4.5 330 134 350 2540 2 9 20 8.5 74 0.2
KL30-05 627 630 0.33 3300 0.1 1.3 48 9 4 280 0.01 7 0.2 4.5 68 0.01
KL30-05 630 632 0.234 2340 0.07 0.7 25 6 2 40 0.01 7 0.01 2.5 51 0.01
KL30-05 632 635 0.26 2600 0.05 1 37 5 0.01 115 0.01 5 0.01 2.5 21 0.01
KL30-05 635 638 0.84 8400 0.23 2.1 78 8 3 25 0.01 23 0.01 9.1 21 0.01
KL30-05 638 641 0.224 2240 0.07 0.6 30 6 2 49 0.01 10 0.01 3.5 14 0.01
KL30-05 641 644 0.405 4050 0.15 1.2 45 6 3 22 0.01 14 0.01 5.3 27 0.01
KL30-05 644 647 1.06 10600 0.39 2.2 111 8 3 23 0.01 38 0.01 8.0 34 0.01
KL30-05 647 648.9 0.7 7000 0.25 1.2 99 9 1 56 0.01 51 0.01 8.5 23 0.01
KL30-05 648.9 651 0.153 1530 0.05 0.1 68 8 2 7 0.01 27 0.01 2.5 30 0.01
KL30-05 651 654 0.79 7900 0.23 1.1 86 9 5 30 0.01 31 0.01 5.4 39 0.01
KL30-05 654 657 0.74 7400 0.18 1 72 9 5 11 0.01 27 0.01 8.3 45 0.01
KL30-05 657 658.5 0.388 3880 0.08 1 103 21 34 340 0.01 25 3.4 4.5 64 0.01
KL30-05 658.5 660 0.056 560 0.05 2.6 2900 470 42 227 0.01 3 7 1.5 391 0.8
KL30-05 660 663 0.0292 292 0.01 0.1 45 22 9 100 0.01 1 1.8 0.5 150 0.01
KL30-05 663 666 0.049 490 0.01 1.4 246 90 19 77 0.01 3 1.8 0.9 140 0.1
KL30-05 666 669 0.0203 203 0.01 0.1 26 7 26 85 0.01 2 2.4 0.6 394 0.01
KL30-05 669 672 0.022 220 0.01 0.1 18 8 37 123 0.01 2 3.2 0.7 410 0.01
KL30-05 672 675 0.0223 223 0.01 0.1 20 17 6 317 0.01 1 1.9 0.9 348 0.01
KL30-05 675 678 0.076 760 0.01 0.1 12 1 2 235 0.01 1 0.8 0.7 286 0.01
KL30-05 678 681 0.043 430 0.01 0.1 12 5 2 54 0.01 4 0.5 0.0 412 0.01
KL30-05 681 684 0.028 280 0.01 0.1 8 1 1 328 0.01 3 0.4 0.0 300 0.01



Appendix V - 184 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-05 684 687 0.0311 311 0.01 0.1 12 7 0.01 48 0.01 1 0.2 0.6 101 0.01
KL30-05 687 690 0.038 380 0.01 0.1 13 1 0.01 74 0.01 1 0.5 0.0 291 0.01
KL30-05 690 693 0.0295 295 0.01 0.1 13 1 2 129 0.01 1 0.3 0.6 193 0.01
KL30-05 693 696 0.0186 186 0.01 0.1 71 11 0.01 149 0.01 1 0.4 0.0 396 0.01
KL30-05 696 699 0.0089 89 0.01 0.1 19 9 2 114 0.01 2 0.6 0.0 352 0.01
KL30-05 699 702 0.023 230 0.01 0.1 106 150 67 57 0.01 1 5.3 0.0 145 0.1
KL30-05 702 705 0.0094 94 0.01 0.1 24 19 2 197 0.01 2 0.4 0.0 381 0.01
KL30-05 705 707.4 0.0213 213 0.01 0.1 34 31 5 94 0.01 1 0.4 0.0 125 0.01
KL30-05 707.4 709.3 0.011 110 0.01 0.1 32 30 5 193 0.01 1 0.3 0.0 77 0.01
KL30-05 709.3 711.4 0.0227 227 0.01 0.1 78 79 10 172 0.01 1 0.7 0.7 77 0.01
KL30-05 711.4 714.3 0.0175 175 0.01 0.1 92 47 0.01 65 0.01 1 0.5 0.0 165 0.01
KL30-05 714.3 717 0.0201 201 0.01 0.1 74 47 3 67 0.01 1 0.4 0.0 171 0.01
KL30-05 717 720 0.0257 257 0.01 0.1 16 12 13 132 0.01 1 0.4 0.0 119 0.01
KL30-05 720 723 0.0163 163 0.01 0.1 58 17 19 51 0.01 2 0.8 0.0 414 0.01
KL30-05 723 726 0.0151 151 0.01 0.1 25 30 30 62 0.01 1 1 0.0 400 0.01
KL30-05 726 729 0.0293 293 0.01 0.1 94 49 47 76 1 1 5.4 2.2 420 0.01
KL30-05 729 731.5 0.0165 165 0.01 0.1 28 12 9 44 0.01 1 0.2 0.0 144 0.01
KL30-05 731.5 734.5 0.069 690 0.01 1.8 119 900 64 35 0.01 1 8 0.6 86 0.1
KL30-05 734.5 737.5 0.0202 202 0.01 0.7 49 120 66 154 0.01 1 4.6 0.0 368 0.14
KL30-05 737.5 740.5 0.0146 146 0.01 0.1 27 28 42 60 0.01 1 3.2 0.0 341 0.1
KL30-05 740.5 743.5 0.0276 276 0.01 0.1 135 50 10 152 0.01 1 1.8 1.1 224 0.01
KL30-05 743.5 747 0.069 690 0.01 0.1 63 13 4 73 0.01 1 0.3 0.0 204 0.01
KL30-05 747 750 0.099 990 0.01 0.1 40 19 2 95 0.01 1 0.5 0.5 74 0.01
KL30-05 750 753 0.08 800 0.06 0.1 130 60 53 116 9 2 3.1 5.5 35 0.01
KL30-05 753 756 0.082 820 0.01 0.1 10 1 16 113 0.01 1 1.7 1.2 73 0.01
KL30-05 756 759 0.048 480 0.01 0.1 7 8 2 70 0.01 1 0.3 0.0 59 0.01
KL30-05 759 762 0.0165 165 0.01 0.1 21 18 0.01 47 0.01 1 0.3 0.0 123 0.01
KL30-05 762 765 0.0185 185 0.01 0.1 8 12 1 78 0.01 1 0.2 0.0 134 0.01
KL30-05 765 768 0.0237 237 0.01 0.1 13 1 27 179 0.01 1 5.1 0.0 295 0.01
KL30-06 0 3 0.002 20 0.01 0.1 197 16 6 1 0.01 1 0.4 0.0 16 0.01
KL30-06 3 5.5 0.0014 14 0.01 0.1 63 31 13 2 0.01 2 1 0.0 28 0.01
KL30-06 5.5 8 0.0012 12 0.01 0.1 47 27 10 1 0.01 1 0.7 3.0 25 0.01
KL30-06 8 11 0.0015 15 0.01 0.6 500 220 12 4 0.01 1 1.8 2.6 28 0.01
KL30-06 11 14 0.0013 13 0.01 0.7 230 66 11 1 0.01 1 2.9 7.0 32 0.01
KL30-06 14 17 0.0021 21 0.01 0.1 63 38 11 1 0.01 2 1.1 0.0 25 0.01
KL30-06 17 20 0.0035 35 0.01 1.4 291 810 17 1 0.01 2 1.8 2.0 30 0.01
KL30-06 20 23.2 0.0015 15 0.01 0.5 223 180 7 1 0.01 1 1.6 1.2 26 0.01
KL30-06 23.2 26.4 0.0038 38 0.01 0.5 123 128 13 3 0.01 2 2.3 1.2 28 0.01
KL30-06 26.4 31 0.0046 46 0.02 1.3 230 1260 12 2 0.01 1 3.8 4.3 22 0.01
KL30-06 31 34 0.0026 26 0.07 1.2 260 334 25 4 1 1 3.7 1.5 20 0.01
KL30-06 34 37 0.0021 21 0.08 1.7 417 160 31 6 0.01 1 3.3 0.0 24 0.01
KL30-06 37 40 0.0362 362 0.03 0.1 63 50 16 4 0.01 1 1.2 0.0 25 0.01
KL30-06 40 43 0.046 460 0.1 31.2 37300 26300 200 43 35 2 22 29.6 34 0.4
KL30-06 43 46 0.0045 45 0.07 1.4 440 440 23 12 0.01 1 1.5 1.2 21 0.01
KL30-06 46 49 0.0033 33 0.03 0.6 360 350 18 2 0.01 1 1.3 2.5 23 0.01
KL30-06 49 52 0.0085 85 0.03 1 232 206 42 71 1 1 2.7 0.0 38 0.01
KL30-06 52 55 0.0237 237 0.07 2.4 510 510 61 103 3 2 2.1 1.8 32 0.01
KL30-06 55 58 0.0036 36 0.04 0.7 165 180 28 88 2 1 1.4 0.0 19 0.01
KL30-06 58 61 0.079 790 0.14 3.8 2740 2400 48 37 3 2 4.7 2.9 30 0.01
KL30-06 61 64 0.0191 191 0.01 1 780 317 27 81 1 2 1.8 0.0 25 0.01
KL30-06 64 67 0.0157 157 0.02 2.4 580 1230 21 79 3 3 3.1 3.8 62 0.01
KL30-06 67 70 0.0226 226 0.08 5.8 163 4700 37 9 1 2 13.1 3.3 177 0.01
KL30-06 70 73 0.0063 63 0.12 2.1 211 610 22 122 1 3 3.4 1.2 120 0.01
KL30-06 73 76 4.03 40300 2.86 296 7600 37000 7600 163 326 19 122 50.0 124 1.86
KL30-06 76 79 3.31 33100 1.72 32.9 8300 14300 1490 80 23 10 35 12.0 53 1.29
KL30-06 79 82 0.153 1530 0.21 10.5 650 1670 89 147 9 7 8.2 32.0 68 0.01
KL30-06 82 85 0.142 1420 0.1 5 460 880 110 177 4 4 5.9 8.0 209 0.01
KL30-06 85 88 0.0335 335 0.07 1.6 570 256 48 13 1 5 2.8 4.3 218 0.01
KL30-06 88 91 0.0132 132 0.07 3.4 850 430 28 58 4 2 3.5 2.3 48 0.01
KL30-06 91 94 0.074 740 0.17 5.5 1960 430 200 33 2 2 8.8 6.8 190 0.19
KL30-06 94 97 0.0185 185 0.03 2 291 127 41 13 1 3 3.6 3.3 252 0.01
KL30-06 97 100 0.0082 82 0.02 1.9 264 287 18 8 2 2 2.3 1.3 136 0.01
KL30-06 100 103 0.0297 297 0.02 2.7 376 430 30 7 5 1 2.7 0.0 39 0.01



Appendix V - 185 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-06 103 106 0.0086 86 0.06 3 560 980 41 30 5 2 3.3 0.0 25 0.01
KL30-06 106 109 0.0076 76 0.06 2.5 400 700 64 21 4 1 4.4 2.0 56 0.01
KL30-06 109 112.5 0.0035 35 0.03 1.7 284 600 52 8 2 1 3.6 1.8 24 0.01
KL30-06 112.5 115 0.0126 126 0.17 8.6 4070 3100 32 25 19 3 8.9 5.4 52 0.01
KL30-06 115 118 0.0153 153 0.12 15.9 7200 9300 29 5 16 1 11 3.5 41 0.1
KL30-06 118 120.5 0.0109 109 0.12 35 3540 5800 46 7 61 4 7.9 3.8 14 0.01
KL30-06 120.5 123.5 0.005 50 0.04 5.6 1120 1260 10 4 1 1 6.2 0.0 20 0.01
KL30-06 123.5 126.3 0.0172 172 0.06 15.6 10400 6700 40 4 5 1 24 2.7 18 0.14
KL30-06 126.3 129.6 0.003 30 0.03 5.1 1190 2200 8 2 2 1 6.4 1.7 21 0.01
KL30-06 129.6 132.1 0.0035 35 0.06 5.1 1000 1930 16 4 6 1 3.3 3.8 24 0.01
KL30-06 132.1 134.5 0.0215 215 0.03 3.2 374 1280 12 7 3 1 2.8 3.8 23 0.01
KL30-06 134.5 138.3 0.14 1400 0.15 10.7 2110 4500 130 40 5 1 10 5.9 33 0.11
KL30-06 138.3 141.3 0.0355 355 0.17 14.5 3700 6900 90 71 4 1 16.7 4.8 38 0.01
KL30-06 141.3 144.3 0.0109 109 0.05 2 283 540 20 15 1 1 2.3 1.2 35 0.01
KL30-06 144.3 147 0.0076 76 0.03 1.7 197 880 12 6 0.01 1 1.9 0.0 28 0.01
KL30-06 147 150 0.033 330 0.06 7.3 2300 4900 21 21 6 1 4.7 2.8 33 0.1
KL30-06 150 152.5 0.0079 79 0.04 4.8 310 2500 5 46 4 1 4.2 3.2 35 0.01
KL30-06 152.5 155.5 0.0026 26 0.03 3 413 2100 8 16 4 1 3.2 2.8 31 0.01
KL30-06 155.5 158.4 0.0015 15 0.07 2.1 330 830 14 10 1 1 2.3 2.0 24 0.01
KL30-06 158.4 161.4 0.0017 17 0.01 2.4 2050 1430 7 19 1 1 2.3 2.8 18 0.01
KL30-06 161.4 164.7 0.0022 22 0.03 3.3 1310 2050 5 18 0.01 1 2.9 2.0 14 0.01
KL30-06 164.7 167.5 0.0027 27 0.01 3.1 1920 1810 8 15 2 1 3.5 4.0 15 0.01
KL30-06 167.5 170.6 0.0125 125 0.05 7.3 2600 3000 13 12 1 1 4 2.5 12 0.01
KL30-06 170.6 173 0.0102 102 0.07 6 5100 3800 30 13 1 1 4.9 4.5 17 0.12
KL30-06 173 176.9 0.058 580 0.29 83 80000 93700 89 109 2 1 83 13.5 22 0.2
KL30-06 176.9 179.9 0.0057 57 0.04 7.2 12000 12900 6 118 0.01 1 5 3.8 28 0.01
KL30-06 179.9 182.5 0.0045 45 0.01 1.9 1870 2500 5 55 0.01 1 2 0.0 19 0.01
KL30-06 182.5 186 0.0053 53 0.02 2.5 4100 2700 8 61 0.01 1 3 2.0 14 0.01
KL30-06 186 189 0.0038 38 0.01 1.2 730 1060 8 58 0.01 1 1.3 2.3 17 0.01
KL30-06 189 193 0.0263 263 0.61 62 77000 56600 15 207 14 1 60 77.0 23 0.01
KL30-06 193 195.3 0.0027 27 0.05 3.6 1460 3900 13 34 0.01 1 3.2 5.2 23 0.01
KL30-06 195.3 198.1 0.0048 48 0.05 1.5 720 1970 15 75 0.01 1 1.5 1.5 17 0.01
KL30-06 198.1 200.5 0.0073 73 0.07 4.2 2530 4700 13 55 0.01 1 3.8 5.8 17 0.01
KL30-06 200.5 202.6 0.0025 25 0.02 1 167 361 5 64 0.01 1 0.9 0.0 20 0.01
KL30-06 202.6 206 0.0034 34 0.01 1.5 550 1010 7 26 0.01 1 2 1.9 19 0.01
KL30-06 206 208.5 0.0038 38 0.02 13.1 12600 10100 9 9 0.01 1 16.8 12.8 18 0.01
KL30-06 208.5 212.5 0.0033 33 0.01 2.3 2360 1540 8 23 1 1 2 3.0 71 0.01
KL30-06 212.5 215.5 0.0027 27 0.02 1.7 900 1120 13 10 1 1 2.1 3.8 18 0.01
KL30-06 215.5 218.5 0.0024 24 0.02 1.3 640 760 9 10 1 1 1.6 1.8 16 0.01
KL30-06 218.5 221 0.002 20 0.01 0.8 450 520 7 11 0.01 1 1.3 1.3 14 0.01
KL30-06 221 223 0.052 520 0.15 30.3 59500 42700 60 131 10 2 22 160.0 25 0.21
KL30-06 223 227.1 0.0065 65 0.07 9.4 5500 7300 17 40 12 1 6.5 32.8 26 0.01
KL30-06 227.1 230.1 0.0066 66 0.02 2.1 650 520 18 21 5 2 1.9 2.3 17 0.01
KL30-06 230.1 233.2 0.0047 47 0.03 5.7 1680 2060 7 62 17 2 1.1 4.0 21 0.01
KL30-06 233.2 236 0.0102 102 0.1 29.3 3560 5700 21 173 76 6 2 7.5 24 0.11
KL30-06 236 238.7 0.005 50 0.01 3.8 350 800 8 50 11 2 1.1 2.8 22 0.01
KL30-06 238.7 242.5 0.006 60 0.02 15.2 1180 1750 13 29 36 1 3 5.8 24 0.01
KL30-06 242.5 248 0.0043 43 0.01 1.3 850 530 8 12 3 1 1.4 3.2 24 0.01
KL30-06 248 253 0.047 470 0.07 2.1 2640 1100 34 47 6 3 2.6 4.8 21 0.18
KL30-06 253 256 0.0124 124 0.96 7.2 3530 1600 15 1040 26 3 4.4 4.4 103 0.22
KL30-06 256 259 0.0163 163 2.69 26 9000 6100 120 580 22 2 7.8 13.3 82 0.4
KL30-06 259 262 0.0088 88 1.19 3 780 362 25 2100 4 5 2.7 8.3 52 0.01
KL30-06 262 265 0.0101 101 0.45 2.5 830 400 29 263 6 2 2 8.0 178 0.21
KL30-06 265 268 0.046 460 0.28 3.4 6800 790 160 23 24 5 6.6 6.1 22 0.6
KL30-06 268 271 0.22 2200 1.52 6.9 15300 8000 210 198 22 15 22 15.2 45 2.69
KL30-06 271 274 0.2 2000 0.33 4.8 4600 1020 560 1100 10 13 20.3 7.0 25 0.85
KL30-06 274 277 0.043 430 0.07 0.1 1470 132 27 163 1 3 1.3 4.5 23 0.01
KL30-06 277 280 0.158 1580 0.25 1 4200 205 30 1050 3 3 1 6.8 21 0.01
KL30-06 280 284.5 0.074 740 0.11 1.2 9200 130 19 43 9 10 1.4 9.5 31 0.01
KL30-06 284.5 287.5 0.13 1300 0.12 2.4 2100 820 52 25 5 4 3.7 10.0 25 0.11
KL30-06 287.5 290.5 0.2 2000 0.24 6.1 13900 810 44 22 15 14 3.4 12.8 24 0.1
KL30-06 290.5 293.5 0.21 2100 0.43 1.6 1470 98 32 31 5 13 1.3 9.0 24 0.01
KL30-06 293.5 296.5 0.72 7200 0.79 3.5 470 66 17 114 3 58 2.3 19.3 43 0.01



Appendix V - 186 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-06 296.5 299.5 0.148 1480 0.37 2.2 1250 257 36 700 3 8 3.6 14.0 50 0.1
KL30-06 299.5 302.5 0.46 4600 0.89 4.3 2630 830 420 219 2 48 22 30.4 72 0.19
KL30-06 302.5 305.5 0.2 2000 0.85 35 21900 21700 290 8 2 5 36 22.8 62 0.48
KL30-06 305.5 308 0.57 5700 1.62 41 35400 21200 140 45 5 52 24 26.8 56 0.46
KL30-06 308 310 1.51 15100 1.31 8.7 2100 100 32 34 6 92 2 29.2 99 0.01
KL30-06 310 313 1.04 10400 0.66 4.8 870 260 10 17 11 110 1.6 66.0 35 0.01
KL30-06 313 316
KL30-06 316 319 1.85 18500 1.22 7.1 920 185 19 47 5 37 2.7 16.8 29 0.01
KL30-06 319 321.5 3.06 30600 1.84 10.7 287 43 6 9 4 58 0.6 34.5 31 0.01
KL30-06 321.5 323.5 2.29 22900 1.38 9.7 720 1110 8 28 1 22 3.2 19.2 33 0.01
KL30-06 323.5 326.5 2.06 20600 1.18 28 9300 10800 52 5 3 24 13 23.0 86 0.18
KL30-06 326.5 329 2.2 22000 1.57 27 3900 3200 28 6 7 21 6.2 16.0 38 0.15
KL30-06 329 331 1.89 18900 0.78 3.5 600 103 6 30 10 38 0.8 18.5 24 0.01
KL30-06 331 334 3.12 31200 1.26 8.6 480 149 19 13 4 34 2.9 18.0 30 0.01
KL30-06 334 336 3.14 31400 2.03 4.9 780 77 8 35 4 52 0.7 23.0 37 0.01
KL30-06 336 338 4.3 43000 2.56 17.2 790 225 27 15 5 107 0.8 26.0 222 0.18
KL30-06 338 340.4 2.83 28300 0.18 7.5 47 76 7500 329 1 18 378 13.0 79 0.19
KL30-06 340.4 344.5 1.25 12500 0.6 3.1 357 199 89 155 2 21 5.1 16.0 223 0.12
KL30-06 344.5 347.5 1.64 16400 0.43 2 97 49 100 156 1 17 1.5 14.8 325 0.22
KL30-06 347.5 350.5 1.4 14000 0.43 1.6 96 24 5 89 1 20 0.01 12.5 12 0.01
KL30-06 350.5 353.5 1.83 18300 0.39 1.8 68 23 12 720 1 14 1.3 8.0 237 0.01
KL30-06 353.5 356.5 1.53 15300 0.31 2.5 219 96 3 630 0.01 16 1 8.5 82 0.01
KL30-06 356.5 359.5 1.5 15000 0.36 2.2 367 340 9 690 0.01 20 1 10.5 107 0.01
KL30-06 359.5 361.5 2.07 20700 0.42 1.9 56 31 1 1050 1 26 0.2 9.5 123 0.01
KL30-06 361.5 364 2.33 23300 0.59 2.8 131 32 9 960 0.01 24 1 10.5 250 0.01
KL30-06 364 367 1.09 10900 0.41 1.2 80 31 2 201 0.01 16 0.2 8.8 90 0.01
KL30-06 367 370 1.03 10300 0.33 1.5 230 34 2 203 1 18 0.2 7.3 169 0.01
KL30-06 370 373 1.69 16900 0.62 3 84 75 59 490 0.01 12 5 5.0 254 0.01
KL30-06 373 376 1.33 13300 0.52 2.2 171 66 3 94 0.01 11 0.3 1.5 137 0.01
KL30-06 376 379 1.16 11600 0.42 2 253 35 8 109 2 14 0.4 4.3 88 0.01
KL30-06 379 382 1.71 17100 0.99 2.3 76 30 2 32 1 13 0.5 4.5 114 0.1
KL30-06 382 385 1.24 12400 0.81 3.8 202 470 6 34 2 14 1.1 4.8 118 0.01
KL30-06 385 388 1.16 11600 0.9 1.7 48 33 3 30 3 10 0.4 5.0 97 0.01
KL30-06 388 390 0.98 9800 0.65 2.2 61 41 32 85 2 14 2 4.0 81 0.1
KL30-06 390 393 1.31 13100 0.67 2.3 60 26 4 180 2 16 0.3 6.0 71 0.01
KL30-06 393 396 1.33 13300 0.6 2.1 72 45 22 139 1 11 0.7 5.0 91 0.01
KL30-06 396 399 1.31 13100 0.62 3.2 240 100 16 76 1 11 0.3 10.0 69 0.1
KL30-06 399 402 1.35 13500 0.6 5.5 101 81 14 151 8 14 1.6 10.2 63 0.1
KL30-06 402 405 0.98 9800 0.57 2.3 64 14 2 201 1 18 0.01 7.0 87 0.01
KL30-06 405 408 1.51 15100 1.73 2.8 66 15 3 103 1 14 0.3 17.0 65 0.01
KL30-06 408 411 2.17 21700 2.22 2.3 58 10 2 69 1 15 0.3 17.8 98 0.01
KL30-06 411 414 1.65 16500 1.25 2.5 28 12 13 422 4 6 0.2 10.5 74 0.01
KL30-06 414 417 1.45 14500 0.6 3.2 83 30 10 953 4 5 1.3 5.5 69 0.1
KL30-06 417 420 1.02 10200 0.25 1.9 58 48 11 336 2 5 4.1 6.0 80 0.01
KL30-06 420 423 0.95 9500 0.35 1.8 28 23 0.01 103 3 4 1 5.5 97 0.01
KL30-06 423 426 4.9 49000 0.68 23.5 1280 2310 150 32 5 7 180 2.5 62 0.12
KL30-06 426 429 0.59 5900 0.2 4.3 307 730 43 153 5 10 90 7.5 125 0.01
KL30-06 429 432 0.55 5500 0.14 2.4 173 195 29 54 2 4 6.3 5.3 179 0.01
KL30-06 432 434.5 0.88 8800 0.25 3.3 1010 327 61 24 4 5 22 7.1 151 0.1
KL30-06 434.5 437 1.23 12300 0.29 2.9 78 70 220 6 1 5 4.8 6.0 157 0.01
KL30-06 437 440 0.68 6800 0.13 1.9 500 161 27 9 2 3 2.3 5.3 135 0.01
KL30-06 440 443.3 0.445 4450 0.12 1.3 420 222 15 9 0.01 3 1.2 4.1 96 0.01
KL30-06 443.3 446.4 0.536 5360 0.3 0.9 27 14 1 14 0.01 5 0.3 5.5 96 0.01
KL30-06 446.4 449.5 0.54 5400 0.67 0.7 35 16 1 8 1 3 0.2 5.5 105 0.01
KL30-06 449.5 453 0.65 6500 0.35 2.3 700 328 2 80 2 4 0.8 6.0 65 0.01
KL30-06 453 456 0.57 5700 0.43 2 386 217 5 42 2 8 0.4 5.5 61 0.01
KL30-06 456 459 0.87 8700 0.53 2.5 500 267 19 14 2 6 1.5 6.6 264 0.01
KL30-06 459 462 0.56 5600 0.22 1.8 240 146 10 52 3 4 1.7 5.5 186 0.12
KL30-06 462 465 0.468 4680 0.26 1.3 121 60 27 11 3 3 0.4 5.3 182 0.1
KL30-06 465 468 0.6 6000 0.33 1.4 48 38 42 16 2 4 0.5 5.5 101 0.01
KL30-06 468 471 0.98 9800 0.56 4.4 300 207 170 133 3 7 7.3 7.4 215 0.01
KL30-06 471 474 0.87 8700 0.53 1.7 218 124 13 82 2 6 1.5 8.3 211 0.01
KL30-06 474 477 1.18 11800 1.12 1.9 183 75 1 79 2 10 1.3 5.7 135 0.01



Appendix V - 187 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-06 477 480 1.15 11500 1.28 3 64 44 28 34 5 3 1.3 8.0 165 0.01
KL30-06 480 483 1.09 10900 0.55 3.2 570 272 20 17 5 5 6.9 12.0 290 0.1
KL30-06 483 486 0.93 9300 0.28 3 800 327 50 44 2 7 11.2 11.1 137 0.01
KL30-06 486 489 1.33 13300 0.34 6.3 382 137 210 20 8 5 26 12.5 242 0.01
KL30-06 489 492 0.96 9600 0.45 4.1 400 220 180 40 6 14 15 13.0 264 0.01
KL30-06 492 495 0.89 8900 0.52 3 128 83 18 14 2 8 2.1 12.0 276 0.01
KL30-06 495 498 0.75 7500 0.73 1.9 164 106 33 17 2 6 6.9 11.0 120 0.01
KL30-06 498 500.6 0.84 8400 0.52 2.6 1550 1140 57 16 3 3 17.4 10.3 148 0.33
KL30-06 500.6 504 0.429 4290 0.26 1.8 480 332 30 29 1 4 1.2 6.8 156 0.01
KL30-06 504 507 0.74 7400 0.33 2.2 204 138 54 46 2 5 4.5 7.8 229 0.01
KL30-06 507 510 0.83 8300 0.44 1.5 42 19 12 39 0.01 6 0.4 7.5 134 0.01
KL30-06 510 513 0.55 5500 0.29 0.9 37 17 2 66 0.01 5 0.01 5.6 142 0.01
KL30-06 513 516 0.78 7800 0.43 1.3 39 18 4 36 0.01 8 0.2 7.5 132 0.01
KL30-06 516 519 0.64 6400 0.31 1.4 47 8 7 46 0.01 9 0.2 8.8 140 0.01
KL30-06 519 522 2.02 20200 0.97 2.7 72 17 5 193 0.01 22 0.2 11.0 215 0.01
KL30-06 522 525 0.72 7200 0.39 1.3 31 8 3 68 0.01 10 0.3 9.5 170 0.01
KL30-06 525 528 0.51 5100 0.27 1.4 27 12 3 58 0.01 10 0.8 7.8 273 0.01
KL30-06 528 531 0.62 6200 0.25 1.3 440 298 500 40 0.01 11 6.5 6.4 221 0.01
KL30-06 531 534 0.69 6900 0.31 4.3 304 240 110 73 14 8 7.3 10.0 60 0.01
KL30-06 534 537 0.53 5300 0.29 0.8 28 11 5 62 0.01 5 0.01 5.5 174 0.01
KL30-06 537 540 0.59 5900 0.36 0.9 75 36 13 49 0.01 7 0.3 5.5 198 0.01
KL30-06 540 543 0.45 4500 0.16 0.7 95 60 24 41 0.01 4 0.4 5.0 201 0.01
KL30-06 543 546 0.295 2950 0.11 1.7 380 420 88 97 1 2 15.9 5.6 207 0.01
KL30-06 546 549 0.489 4890 0.12 1.7 610 370 42 363 1 5 12.7 6.8 83 0.01
KL30-06 549 552 0.65 6500 0.35 0.9 130 56 3 46 0.01 7 0.2 6.3 147 0.01
KL30-06 552 555 0.75 7500 0.21 1 81 45 10 80 0.01 5 2 7.8 102 0.01
KL30-06 555 558 0.79 7900 0.51 1.2 138 45 36 99 0.01 6 0.9 7.5 91 0.01
KL30-06 558 561 0.77 7700 0.24 1.3 237 72 73 88 0.01 4 2.8 10.0 135 0.01
KL30-06 561 564 0.75 7500 0.22 2.8 860 440 260 60 2 6 18.3 6.6 136 0.17
KL30-06 564 567 0.56 5600 0.1 1 94 27 77 31 0.01 5 0.8 7.0 123 0.01
KL30-06 567 570 0.57 5700 0.13 0.8 26 8 7 52 0.01 5 0.2 7.3 212 0.01
KL30-06 570 573 0.412 4120 0.09 1.1 107 62 18 47 1 2 4.6 4.8 150 0.1
KL30-06 573 576 0.83 8300 0.29 4.6 123 100 260 289 7 6 124 12.3 75 0.13
KL30-06 576 579 0.82 8200 0.15 1.6 103 51 70 79 0.01 6 2.2 6.5 144 0.01
KL30-06 579 582 0.83 8300 0.06 1.1 167 45 160 100 0.01 5 1.2 7.9 160 0.01
KL30-06 582 585 0.77 7700 0.11 0.9 214 64 160 78 0.01 3 1.1 6.3 86 0.01
KL30-06 585 588 0.405 4050 0.07 1 164 57 30 90 0.01 2 3.7 4.7 89 0.01
KL30-06 588 591 0.78 7800 0.07 6.1 314 130 560 77 1 2 85 7.3 201 0.12
KL30-06 591 594 3.43 34300 0.36 35.6 660 166 2400 110 3 6 278 16.5 84 0.15
KL30-06 594 597 0.95 9500 0.08 8.2 38 55 25 84 1 3 2.4 5.5 125 0.01
KL30-06 597 600 0.513 5130 0.08 1.7 141 85 9 77 1 8 1.8 7.5 160 0.01
KL30-06 600 603 0.82 8200 0.05 1.4 187 101 50 421 0.01 4 2.5 5.8 67 0.01
KL30-06 603 606 0.85 8500 0.15 5.5 870 380 1380 98 2 7 62 4.8 73 0.15
KL30-06 606 609 0.435 4350 0.2 1 82 50 10 95 0.01 7 0.5 4.0 174 0.01
KL30-06 609 612 0.401 4010 0.14 0.8 58 61 4 101 0.01 7 0.3 3.9 135 0.01
KL30-06 612 615 0.29 2900 0.07 4.6 150 100 4 81 12 3 0.4 2.8 221 0.01
KL30-06 615 618 0.33 3300 0.05 0.7 56 62 16 135 0.01 3 0.2 4.0 128 0.01
KL30-06 618 621 0.483 4830 0.24 1.3 373 116 25 194 1 6 2 4.7 199 0.1
KL30-06 621 624 0.29 2900 0.06 2.5 317 262 41 55 4 4 5.3 7.3 110 0.01
KL30-06 624 627 0.364 3640 0.03 2 292 229 100 103 2 5 4.6 4.0 181 0.01
KL30-06 627 630 0.31 3100 0.02 1.6 123 138 100 101 1 4 7.5 3.4 178 0.01
KL30-06 630 633 0.357 3570 0.04 1.5 670 278 71 297 2 6 2.9 3.8 110 0.17
KL30-06 633 636 0.31 3100 0.03 1.6 530 251 100 148 2 6 7.5 6.5 175 0.1
KL30-06 636 638.2 0.364 3640 0.05 2.1 1070 379 180 258 2 5 8.1 5.8 100 0.01
KL30-06 638.2 640.2 0.3 3000 0.03 1.9 680 291 59 326 2 4 10.8 5.5 196 0.01
KL30-06 640.2 642 0.62 6200 0.23 1.2 127 16 0.01 126 0.01 26 0.2 7.0 70 0.01
KL30-06 642 645 0.3 3000 0.15 0.9 120 12 0.01 35 0.01 25 0.2 3.4 51 0.01
KL30-06 645 648 0.33 3300 0.32 1.1 112 8 0.01 9 0.01 37 0.01 7.3 30 0.01
KL30-06 648 651 0.26 2600 0.24 1 130 8 0.01 5 0.01 43 0.7 4.5 35 0.01
KL30-06 651 654 1.08 10800 0.8 2.1 60 12 0.01 16 0.01 96 0.01 18.0 28 0.01
KL30-06 654 657 0.93 9300 0.35 1.9 106 13 1 17 0.01 54 0.2 12.8 32 0.01
KL30-06 657 659.5 1.38 13800 0.52 3.3 221 12 4 54 0.01 42 0.2 9.5 33 0.01
KL30-06 659.5 662 0.99 9900 0.33 2.4 161 8 5 23 0.01 41 0.01 10.8 40 0.01



Appendix V - 188 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-06 662 665 0.67 6700 0.22 1.7 159 11 3 3 0.01 30 0.01 5.8 50 0.01
KL30-06 665 668.5 0.34 3400 0.13 1 70 14 8 2 0.01 26 0.3 5.8 45 0.01
KL30-06 668.5 671.5 0.107 1070 0.05 0.1 54 7 5 19 0.01 14 0.01 2.3 26 0.01
KL30-06 671.5 674.6 0.481 4810 0.36 1.2 111 14 22 9 0.01 27 0.5 6.0 34 0.01
KL30-06 674.6 677.4 0.24 2400 0.14 0.5 89 15 3 7 0.01 25 0.2 2.3 32 0.01
KL30-06 677.4 680.4 0.0109 109 0.01 0.1 62 19 1 2 0.01 16 0.01 0.0 37 0.01
KL30-06 680.4 684 0.107 1070 0.12 0.1 78 9 2 5 0.01 25 0.01 1.8 47 0.01
KL30-06 684 687 0.452 4520 0.2 1.1 175 12 5 8 1 19 0.3 5.0 50 0.01
KL30-06 687 690 0.25 2500 0.13 0.5 88 10 2 4 0.01 22 0.01 3.8 66 0.01
KL30-06 690 693 0.454 4540 0.17 1 105 10 2 8 0.01 44 0.2 4.9 45 0.01
KL30-06 693 696 0.235 2350 0.09 0.6 74 7 1 32 0.01 31 0.01 3.0 53 0.01
KL30-06 696 699.5 0.35 3500 0.14 1 76 18 2 48 0.01 18 0.3 4.0 125 0.01
KL30-06 699.5 702 0.161 1610 0.05 0.1 41 11 3 230 0.01 9 0.2 1.5 100 0.01
KL30-06 702 705 0.072 720 0.02 0.1 36 15 6 37 0.01 4 0.01 1.0 51 0.01
KL30-06 705 708.1 1.17 11700 0.26 8.9 620 272 8 59 2 18 3.2 6.0 45 0.01
KL30-06 708.1 709.8 0.83 8300 0.39 35.2 4860 4400 120 56 42 4 28 13.0 120 0.2
KL30-06 709.8 713 1.93 19300 0.8 24.4 1200 890 190 53 22 16 24 18.4 134 0.01
KL30-06 713 716 0.45 4500 0.04 6.1 126 102 27 36 3 6 12.8 6.5 160 0.01
KL30-06 716 718 0.16 1600 0.01 1.8 73 38 17 32 0.01 3 8.3 3.0 183 0.01
KL30-06 718 721.1 0.149 1490 0.05 1 45 26 5 8 0.01 3 1.2 1.5 105 0.01
KL30-06 721.1 725.7 0.257 2570 0.03 1.2 171 77 54 194 0.01 4 7.8 5.3 174 0.01
KL30-06 725.7 728.7 0.091 910 0.02 0.1 17 8 4 70 0.01 3 0.3 2.0 25 0.01
KL30-06 728.7 731.7 0.072 720 0.05 0.6 101 87 23 31 1 12 4.4 5.0 32 0.01
KL30-06 731.7 734.7 0.165 1650 0.04 1 50 27 15 43 0.01 5 1.1 4.8 19 0.01
KL30-06 734.7 736.6 0.078 780 0.03 0.1 25 12 9 5 0.01 8 0.01 3.5 15 0.01
KL30-06 736.6 740.7 0.113 1130 0.04 0.1 68 9 2 8 0.01 21 0.01 2.0 37 0.01
KL30-06 740.7 743.7 0.356 3560 0.12 0.9 82 9 0.01 37 0.01 30 0.01 5.0 39 0.01
KL30-06 743.7 746.7 0.27 2700 0.06 0.6 88 7 0.01 96 0.01 20 0.01 3.0 38 0.01
KL30-06 746.7 749.7 0.13 1300 0.05 0.5 65 8 0.01 6 0.01 18 0.01 1.8 34 0.01
KL30-06 749.7 752.7 0.091 910 0.01 0.1 67 13 3 27 0.01 26 0.2 6.3 51 0.01
KL30-06 752.7 755.4 0.158 1580 0.04 0.1 112 7 1 6 0.01 17 0.01 2.8 58 0.01
KL30-06 755.4 758.7 1.2 12000 0.42 3 114 10 3 21 0.01 30 0.01 8.8 43 0.01
KL30-06 758.7 761.7 1.2 12000 0.3 2.5 157 42 2 23 0.01 27 0.2 10.2 23 0.01
KL30-06 761.7 764.7 0.77 7700 0.2 2.1 96 14 2 11 0.01 27 0.01 10.3 26 0.01
KL30-06 764.7 767.7 0.217 2170 0.17 0.7 92 9 1 3 0.01 19 0.01 2.5 33 0.01
KL30-06 767.7 770.7 0.53 5300 0.27 1.3 91 9 2 2 0.01 22 0.01 5.0 38 0.01
KL30-06 770.7 772.7 1.19 11900 0.48 2.3 118 10 2 20 0.01 23 0.01 6.9 48 0.01
KL30-06 772.7 775.7 0.82 8200 0.24 1.6 72 11 2 23 0.01 33 0.2 15.3 26 0.01
KL30-06 775.7 778.7 0.446 4460 0.25 0.8 84 19 1 13 0.01 27 0.01 5.8 28 0.01
KL30-06 778.7 781.7 0.515 5150 0.26 0.7 100 90 1 13 0.01 8 2.1 4.8 55 0.01
KL30-06 781.7 784.2 0.491 4910 0.15 2.8 650 283 11 50 4 5 12 6.0 128 0.11
KL30-06 784.2 787.1 0.096 960 0.01 1.3 1840 920 24 23 1 3 7 2.5 168 0.19
KL30-06 787.1 791.7 0.115 1150 0.02 1.1 690 580 5 41 0.01 5 1.6 2.3 113 0.01
KL30-06 791.7 794.7 0.086 860 0.01 0.1 41 15 4 50 0.01 4 0.01 0.8 159 0.01
KL30-06 794.7 798 0.172 1720 0.01 0.1 43 16 9 16 0.01 4 0.9 0.8 108 0.01
KL30-07 0 4 0.0015 15 0.01 0.1 63 32 6 2 0.01 1 0.5 0.8 49 0.01
KL30-07 4 7 0.0021 21 0.01 0.1 42 24 7 4 0.01 1 0.6 1.0 19 0.01
KL30-07 7 10 0.0014 14 0.01 0.1 156 70 10 3 0.01 3 0.8 1.0 26 0.01
KL30-07 10 13 0.0013 13 0.01 0.1 189 57 12 3 0.01 3 1.1 1.5 40 0.01
KL30-07 13 16 0.0014 14 0.01 0.1 63 50 14 4 0.01 1 0.7 0.9 23 0.01
KL30-07 16 19 0.0036 36 0.01 0.1 98 56 10 3 0.01 1 0.9 2.6 22 0.01
KL30-07 19 22 0.0018 18 0.01 0.1 26 25 9 2 0.01 2 0.4 0.0 27 0.01
KL30-07 22 26.5 0.0015 15 0.01 0.1 59 28 11 3 0.01 1 0.5 0.6 24 0.01
KL30-07 26.5 29.5 0.0043 43 0.04 0.7 135 135 16 2 0.01 1 0.8 0.9 21 0.01
KL30-07 29.5 32.5 0.0029 29 0.01 0.6 560 238 3 1 0.01 1 0.8 2.4 18 0.01
KL30-07 32.5 35.5 0.0032 32 0.01 0.7 410 297 6 1 0.01 1 0.7 1.3 17 0.01
KL30-07 35.5 38 0.0023 23 0.01 0.1 72 91 6 2 0.01 1 0.7 1.3 22 0.01
KL30-07 38 41 0.0025 25 0.01 0.1 120 180 11 1 0.01 3 0.5 1.3 17 0.01
KL30-07 41 44.5 0.0265 265 0.01 0.7 166 240 61 3 1 2 2.9 2.3 22 0.01
KL30-07 44.5 47.5 0.0032 32 0.01 0.1 69 117 5 1 0.01 1 0.5 0.8 22 0.01
KL30-07 47.5 50.5 0.0031 31 0.01 1.6 221 325 22 1 0.01 1 4.1 1.0 23 0.01
KL30-07 50.5 53.5 0.0026 26 0.03 0.1 181 161 23 1 0.01 1 0.9 1.6 28 0.01
KL30-07 53.5 56.5 0.0019 19 0.04 0.1 137 166 26 2 0.01 1 1.1 1.7 24 0.01



Appendix V - 189 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-07 56.5 59.5 0.0015 15 0.02 0.1 86 118 17 1 0.01 3 0.6 3.1 16 0.01
KL30-07 59.5 62.5 0.0019 19 0.01 0.1 74 175 18 1 0.01 1 0.6 1.1 17 0.01
KL30-07 62.5 65.5 0.0057 57 0.01 0.1 93 91 8 1 0.01 1 0.6 1.7 31 0.01
KL30-07 65.5 68.5 0.0047 47 0.01 0.1 63 86 10 3 0.01 1 0.6 1.3 33 0.01
KL30-07 68.5 71.5 0.0032 32 0.01 0.1 66 62 8 2 0.01 1 0.5 1.2 23 0.01
KL30-07 71.5 74.5 0.0019 19 0.01 0.1 30 32 4 1 0.01 1 0.4 1.2 12 0.01
KL30-07 74.5 77.5 0.0024 24 0.01 0.1 92 192 18 1 0.01 1 0.7 0.7 23 0.01
KL30-07 77.5 80.5 0.0018 18 0.01 0.1 29 35 1 1 0.01 1 0.5 0.6 17 0.01
KL30-07 80.5 83.5 0.0076 76 0.01 0.1 111 100 9 3 0.01 1 0.6 1.1 28 0.01
KL30-07 83.5 86.5 0.0035 35 0.01 0.1 186 87 15 3 0.01 1 0.6 1.5 27 0.01
KL30-07 86.5 89.5 0.0034 34 0.01 0.1 90 90 3 2 0.01 2 0.4 0.9 21 0.01
KL30-07 89.5 92.5 0.004 40 0.01 0.1 60 65 3 1 0.01 1 0.5 1.3 25 0.01
KL30-07 92.5 95.5 0.0067 67 0.02 0.1 92 134 9 1 1 1 0.8 2.6 22 0.01
KL30-07 95.5 98.5 0.0073 73 0.01 0.7 99 261 6 2 1 1 0.6 2.9 18 0.01
KL30-07 98.5 103 0.0027 27 0.01 0.1 100 73 5 1 0.01 1 0.2 1.2 25 0.01
KL30-07 103 107.5 0.0052 52 0.01 0.1 92 61 7 1 0.01 1 0.5 1.0 38 0.01
KL30-07 107.5 110.5 0.0031 31 0.01 0.1 186 137 16 1 0.01 3 0.9 0.8 58 0.01
KL30-07 110.5 113.5 0.0068 68 0.01 0.6 222 145 42 3 0.01 2 1.3 1.2 82 0.01
KL30-07 113.5 116.5 0.124 1240 0.02 2 450 321 180 8 5 5 5.9 2.1 100 0.01
KL30-07 116.5 119.5 0.0089 89 0.29 5.8 1400 1910 110 5 3 3 5.6 15.0 56 0.1
KL30-07 119.5 120.9 0.078 780 0.94 66 9900 27300 1030 45 52 4 42 75.0 34 0.35
KL30-07 120.9 124 0.0166 166 0.83 16.3 6900 6200 300 20 9 3 18.6 22.0 17 0.25
KL30-07 124 127.3 0.0221 221 0.63 32.7 11800 15800 170 10 25 3 34 47.0 22 0.21
KL30-07 127.3 131.5 0.0116 116 0.98 11 3000 4800 100 7 2 2 15.3 7.0 145 0.18
KL30-07 131.5 134.5 0.22 2200 1.17 118 58400 68000 630 45 5 1 162 24.0 116 1.27
KL30-07 134.5 137.5 0.0185 185 0.45 14.8 2000 8900 140 11 3 1 19.3 4.4 100 0.11
KL30-07 137.5 140.5 0.0068 68 0.15 2.9 1120 1110 23 8 1 1 3.3 1.5 173 0.01
KL30-07 140.5 143.5 0.0049 49 0.56 3.5 920 1180 39 10 1 1 5 2.2 124 0.1
KL30-07 143.5 146 0.0118 118 0.05 1 139 327 12 5 0.01 1 1.3 1.4 108 0.01
KL30-07 146 149.6 0.0047 47 0.1 1.1 90 220 27 10 1 2 1.4 1.1 132 0.01
KL30-07 149.6 152.5 0.0054 54 0.06 0.8 137 114 28 8 2 1 1.1 1.2 147 0.01
KL30-07 152.5 155.3 0.0078 78 0.05 0.7 106 125 17 8 1 1 0.8 0.8 133 0.01
KL30-07 155.3 158.8 0.0073 73 0.05 1.6 116 413 33 5 5 1 1.7 0.9 156 0.01
KL30-07 158.8 161.5 0.0044 44 0.21 1.5 206 304 41 7 3 1 1.8 1.4 131 0.01
KL30-07 161.5 164.5 0.0109 109 0.21 2.8 267 610 31 12 7 2 2.6 2.3 23 0.01
KL30-07 164.5 169 0.59 5900 0.16 2.2 400 610 140 42 5 3 8.4 5.1 69 0.01
KL30-07 169 172 0.0241 241 0.16 1.2 267 410 40 22 2 1 4.2 2.2 42 0.01
KL30-07 172 175 0.0378 378 0.26 3.5 350 500 150 76 12 2 4.8 3.5 22 0.01
KL30-07 175 178 0.0178 178 0.39 1.4 351 272 100 11 3 1 5 1.9 39 0.01
KL30-07 178 180.5 0.0115 115 0.1 0.8 296 301 37 3 2 1 1.5 1.3 12 0.01
KL30-07 180.5 183.2 0.0081 81 0.68 4.4 247 510 260 130 10 1 13.7 4.2 65 0.14
KL30-07 183.2 186.1 0.0067 67 0.95 5.2 213 426 340 194 9 1 16.2 5.0 100 0.11
KL30-07 186.1 189.4 0.0039 39 0.07 1.6 159 530 11 9 3 1 3.1 2.1 25 0.01
KL30-07 189.4 193 0.292 2920 0.33 13.9 870 2200 1150 23 6 4 59 2.9 23 0.11
KL30-07 193 196 0.0089 89 0.12 1 172 148 33 11 3 1 5.6 3.0 18 0.01
KL30-07 196 199 0.0127 127 0.07 1.2 236 114 50 32 4 1 10.7 2.4 20 0.01
KL30-07 199 202 0.0151 151 0.34 1.8 161 154 60 72 12 1 15.5 3.5 19 0.01
KL30-07 202 205 0.0066 66 0.1 0.6 112 95 24 101 4 1 4.3 2.4 21 0.01
KL30-07 205 208 0.0157 157 0.1 1.4 206 155 68 124 5 1 9.2 2.3 20 0.01
KL30-07 208 209.1 0.0387 387 0.12 1.6 181 72 170 250 4 1 18.1 3.1 20 0.01
KL30-07 209.1 212.3 0.0342 342 0.17 8 267 1780 130 880 26 2 7.2 11.6 36 0.01
KL30-07 212.3 215.5 0.0202 202 0.16 1.5 490 332 51 161 6 1 5.9 3.6 25 0.1
KL30-07 215.5 218.5 0.0164 164 0.12 5.8 1200 1360 30 82 19 1 7.8 9.5 30 0.01
KL30-07 218.5 221.5 0.0263 263 0.45 5.9 1440 530 62 107 20 1 30 9.8 30 0.26
KL30-07 221.5 224.5 0.0217 217 0.21 2 710 293 36 54 7 1 7.4 4.6 27 0.01
KL30-07 224.5 227.5 0.0339 339 0.51 6.1 3400 890 78 224 38 1 28 13.0 28 0.15
KL30-07 227.5 230.5 0.0208 208 0.33 2.6 1420 240 33 268 20 1 12.5 7.0 31 0.01
KL30-07 230.5 233.5 0.0178 178 0.16 1.8 1740 222 32 254 7 1 4.6 5.5 27 0.14
KL30-07 233.5 237 0.106 1060 0.31 4.2 3800 640 130 163 18 1 9.1 9.5 27 0.24
KL30-07 237 239.5 0.154 1540 1.08 52 64400 42000 230 218 70 3 44 30.5 36 0.6
KL30-07 239.5 242.5 0.139 1390 0.35 11.2 5500 1430 410 370 34 3 35 15.0 18 0.33
KL30-07 242.5 246.1 0.104 1040 0.49 6.9 2410 1130 250 212 16 1 38 7.8 26 0.44
KL30-07 246.1 249.5 8.24 82400 0.8 63 19200 9400 6800 161 285 2 360 20.0 85 4.5



Appendix V - 190 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-07 249.5 253.3 2.2 22000 0.68 5.6 470 327 1310 220 18 5 54 71.3 95 0.21
KL30-07 253.3 256 6.31 63100 0.58 9.1 146 226 1630 178 12 4 230 77.5 67 0.19
KL30-07 256 259 2.79 27900 0.74 4.5 279 195 930 140 12 8 68 43.0 69 0.13
KL30-07 259 263 2.88 28800 1.58 4.3 373 275 1120 484 33 17 70 56.0 87 0.1
KL30-07 263 266.5 2.8 28000 1.18 6.4 850 610 1230 112 24 16 48 56.0 68 0.22
KL30-07 266.5 273.7 2.05 20500 1.24 9.2 3100 2500 700 120 23 37 26 49.0 95 0.35
KL30-07 273.7 276.2 0.44 4400 0.86 11.2 1520 3200 1010 350 27 14 36 53.0 154 0.11
KL30-07 276.2 278.5 0.34 3400 0.48 7.4 1800 322 360 570 34 40 7 81.3 162 0.2
KL30-07 278.5 281.5 0.054 540 0.86 1.5 122 131 64 518 6 96 4.4 85.0 121 0.01
KL30-07 281.5 284.5 0.52 5200 1.02 3.6 297 120 430 310 21 116 15 106.3 102 0.01
KL30-07 284.5 287.5 0.42 4200 0.86 4 970 4700 180 175 29 34 8.5 105.0 120 0.01
KL30-07 287.5 289.5 1.03 10300 0.94 6 650 660 560 102 68 31 10 126.3 138 0.01
KL30-07 289.5 292.5 1.11 11100 1.08 4.5 410 291 510 112 128 14 6.7 75.0 98 0.01
KL30-07 292.5 296.5 0.41 4100 1.42 2.4 72 82 200 32 110 2 6 61.3 139 0.01
KL30-07 296.5 299.2 0.96 9600 1.12 9.4 680 1480 420 135 54 20 7.6 92.5 118 0.01
KL30-07 299.2 302.1 0.28 2800 0.95 36 16000 5600 360 215 74 7 9.3 54.5 67 0.1
KL30-07 302.1 305.1 0.056 560 0.52 6.2 3200 820 200 90 22 6 5.8 18.0 53 0.01
KL30-07 305.1 308.3 0.0235 235 0.24 8.3 10000 7100 140 34 7 6 7.1 11.0 26 0.01
KL30-07 308.3 311.3 0.172 1720 0.52 24.6 3800 3500 200 115 12 9 25 17.0 21 0.01
KL30-07 311.3 314.3 0.067 670 1.42 62 4700 3300 370 135 14 6 36 20.9 25 0.16
KL30-07 314.3 317.3 0.39 3900 1.69 18 21800 4200 380 785 77 34 12.2 130.0 75 3.2
KL30-07 317.3 320.3 0.089 890 0.29 2.1 1020 298 110 160 10 5 2.1 10.0 26 0.15
KL30-07 320.3 323.3 0.044 440 0.99 10.6 7200 1950 490 108 28 6 22 34.5 34 0.18
KL30-07 323.3 326.5 0.115 1150 0.99 12.9 3700 1700 460 538 14 8 42 31.8 46 0.19
KL30-07 326.5 329.5 0.058 580 0.29 4.2 1110 600 200 132 4 1 4.6 10.0 28 0.01
KL30-07 329.5 333.9 0.0246 246 0.19 2 650 267 54 151 2 1 3.5 4.8 23 0.01
KL30-07 333.9 336.2 0.0068 68 0.13 0.8 217 125 17 45 2 1 3.7 4.5 24 0.01
KL30-07 336.2 338.5 0.0264 264 0.23 4.7 1880 880 62 80 26 1 5.8 29.0 24 0.01
KL30-07 338.5 341.5 0.0088 88 0.07 1.8 1790 780 30 21 4 1 1.7 13.5 19 0.01
KL30-07 341.5 344.5 0.0028 28 0.07 0.1 226 127 14 8 0.01 1 0.6 1.5 14 0.01
KL30-07 344.5 347 0.0219 219 0.25 11.3 9300 10100 65 32 12 1 10.2 105.0 27 0.01
KL30-07 347 350.1 0.0254 254 0.4 14.2 7600 10200 100 46 12 1 17 62.0 28 0.01
KL30-07 350.1 355.1 0.042 420 0.49 9.7 4600 2500 130 55 32 3 10.6 60.0 43 0.01
KL30-07 355.1 359 0.0105 105 0.07 5.5 7000 6200 61 21 2 1 8.1 26.5 16 0.01
KL30-07 359 362.5 0.076 760 0.44 60 57700 56200 120 56 12 1 60 178.8 41 0.01
KL30-07 362.5 365.5 0.0245 245 0.25 15.7 13900 14100 100 27 12 2 23 95.0 28 0.01
KL30-07 365.5 368 0.0046 46 0.09 1.8 700 550 20 21 12 1 2.5 10.5 33 0.01
KL30-07 368 371 0.0103 103 0.08 7.5 3100 4800 49 51 26 3 7.4 61.3 35 0.01
KL30-07 371 373.7 0.0102 102 0.08 6.9 4000 6400 43 43 8 3 8.3 69.0 41 0.01
KL30-07 373.7 375.9 0.0201 201 0.09 2.3 2400 1300 87 28 2 2 3.3 21.0 52 0.01
KL30-07 375.9 378.9 0.0291 291 0.09 1.7 3200 810 88 27 2 1 3.2 10.5 40 0.01
KL30-07 378.9 380.5 0.0121 121 0.2 13.8 7100 16900 110 16 2 1 24 24.5 23 0.01
KL30-07 380.5 383.2 0.0127 127 0.2 2.4 1200 910 70 16 1 1 5.8 8.0 31 0.01
KL30-07 383.2 385.9 0.0105 105 0.31 2.9 1210 960 80 17 2 1 7.3 14.0 32 0.01
KL30-07 385.9 388.3 0.0089 89 0.36 3.8 1190 1020 100 19 2 1 10.1 11.9 31 0.01
KL30-07 388.3 390 0.0085 85 0.27 4.2 2900 2500 40 15 2 1 6.8 16.5 28 0.01
KL30-07 390 392.5 0.0064 64 0.37 3.5 1320 1680 36 14 3 1 5.6 12.3 34 0.01
KL30-07 392.5 395.5 0.0055 55 0.29 2.9 1040 1550 28 12 3 1 3.6 10.5 33 0.01
KL30-07 395.5 398.5 0.0065 65 0.07 1 264 450 13 16 3 1 1.3 5.3 22 0.01
KL30-07 398.5 401.5 0.0064 64 0.03 0.8 184 370 12 12 1 1 0.9 4.8 19 0.01
KL30-07 401.5 404.2 0.0126 126 0.13 5.8 7000 5000 22 17 2 1 6.2 27.0 20 0.01
KL30-07 404.2 406.7 0.0064 64 0.05 1.8 590 540 15 36 2 1 2.5 8.3 22 0.01
KL30-07 406.7 410.5 0.0085 85 0.03 1.9 1210 440 24 48 5 1 2.2 5.5 21 0.01
KL30-07 410.5 413.5 0.004 40 0.04 1.2 296 351 13 20 3 1 1.2 4.0 21 0.01
KL30-07 413.5 416.5 0.0079 79 0.05 2.2 1060 880 35 33 6 1 1.7 7.3 22 0.01
KL30-07 416.5 419.5 0.0059 59 0.04 1.3 710 310 18 32 4 1 1.5 3.8 23 0.01
KL30-08 0 2.5 0.0095 95 0.01 0.1 59 33 5 7 0.01 1 0.6 0.7 23 0.01
KL30-08 2.5 4.8 0.0086 86 0.01 0.1 82 34 8 4 0.01 2 0.4 0.9 37 0.01
KL30-08 4.8 6.8 0.0101 101 0.01 0.1 276 67 9 6 0.01 1 0.4 2.3 28 0.01
KL30-08 6.8 8.5 0.0025 25 0.01 0.1 70 36 7 3 0.01 1 0.3 1.9 18 0.01
KL30-08 8.5 11.5 0.0035 35 0.01 0.1 93 53 8 7 0.01 1 0.4 1.0 21 0.01
KL30-08 11.5 14.5 0.0015 15 0.01 0.1 87 37 12 4 0.01 1 0.4 1.5 28 0.01
KL30-08 14.5 16.7 0.0046 46 0.01 0.1 79 30 13 4 0.01 1 0.8 1.1 30 0.01



Appendix V - 191 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-08 16.7 18.4 0.0021 21 0.01 0.1 41 24 14 3 0.01 2 0.7 1.3 21 0.01
KL30-08 18.4 20.5 0.0056 56 0.01 0.1 239 83 12 6 0.01 1 0.9 1.5 30 0.01
KL30-08 20.5 23.5 0.0067 67 0.01 0.5 334 144 7 11 0.01 1 1 3.8 19 0.01
KL30-08 23.5 26 0.0019 19 0.06 0.1 182 119 8 5 0.01 2 0.6 2.0 20 0.01
KL30-08 26 29.1 0.0092 92 0.06 0.1 158 156 9 6 0.01 1 1 2.7 28 0.01
KL30-08 29.1 32.2 0.0081 81 0.06 3.5 750 880 17 5 1 2 3.1 8.4 32 0.01
KL30-08 32.2 35.3 0.006 60 0.01 1.2 1010 650 7 10 0.01 1 1.7 2.6 19 0.01
KL30-08 35.3 38.4 0.0269 269 0.01 0.1 53 75 5 9 0.01 1 1.5 1.3 20 0.01
KL30-08 38.4 41.4 0.0017 17 0.01 0.1 104 180 4 2 0.01 1 0.3 0.9 17 0.01
KL30-08 41.4 44.5 0.0035 35 0.01 0.1 80 131 3 4 0.01 1 0.4 0.7 18 0.01
KL30-08 44.5 47.5 0.0021 21 0.07 0.1 170 179 7 9 1 1 0.9 2.1 18 0.01
KL30-08 47.5 50.5 0.0053 53 0.05 0.1 49 70 10 9 0.01 1 0.7 1.2 14 0.01
KL30-08 50.5 53.5 0.003 30 0.01 0.1 134 315 6 2 0.01 1 0.3 1.4 16 0.01
KL30-08 53.5 56.5 0.0239 239 0.01 0.1 184 290 6 8 0.01 1 0.9 1.3 14 0.01
KL30-08 56.5 59.5 0.0149 149 0.02 0.1 740 530 15 49 1 3 1.1 2.0 27 0.01
KL30-08 59.5 62.5 0.0119 119 0.01 0.1 235 133 7 21 0.01 1 0.5 1.2 19 0.01
KL30-08 62.5 65.5 0.0012 12 0.01 0.8 112 160 5 52 1 1 0.01 0.5 8 0.01
KL30-08 65.5 68.5 0.0084 84 0.01 0.7 205 196 8 72 1 1 0.6 0.8 11 0.01
KL30-08 68.5 71.5 0.0349 349 0.01 1 620 143 16 126 1 2 0.3 1.3 22 0.01
KL30-08 71.5 74.5 0.0099 99 0.02 1.4 390 315 28 143 3 1 0.9 2.2 21 0.01
KL30-08 74.5 77.5 0.123 1230 0.04 1.6 1000 364 24 116 5 1 0.6 2.7 23 0.01
KL30-08 77.5 80.5 0.0049 49 0.09 1.4 880 540 44 99 2 1 0.9 2.0 35 0.01
KL30-08 80.5 83.5 0.0105 105 0.03 1 290 369 28 15 0.01 3 0.8 0.8 21 0.01
KL30-08 83.5 86.5 0.0201 201 0.02 0.9 420 304 16 25 1 1 1 0.6 20 0.01
KL30-08 86.5 89.5 0.0405 405 0.02 1 291 294 26 181 2 2 0.8 1.8 21 0.01
KL30-08 89.5 92.5 0.0329 329 0.03 1.6 1090 460 29 73 5 4 2 8.8 29 0.01
KL30-08 92.5 95.5 0.057 570 0.02 2.3 90 75 9 470 23 4 1.5 5.3 30 0.01
KL30-08 95.5 98.5 0.07 700 0.06 3.4 370 162 12 164 32 6 2.2 8.3 75 0.01
KL30-08 98.5 101.5 0.232 2320 0.03 3.3 142 111 9 92 16 8 1.1 15.3 105 0.01
KL30-08 101.5 104 0.048 480 0.01 0.1 78 110 9 76 1 5 0.4 9.2 126 0.01
KL30-08 104 105.4 0.0097 97 0.01 0.8 72 59 8 100 4 6 0.8 9.5 77 0.01
KL30-08 105.4 107.5 1.57 15700 0.05 25.5 2030 2300 43 127 14 17 2.1 115.0 78 0.01
KL30-08 107.5 110.5 0.85 8500 0.1 47 33900 13400 63 270 81 22 3.9 341.0 34 0.01
KL30-08 110.5 113.2 0.168 1680 0.03 3.4 260 302 40 12 4 3 4.4 9.3 12 0.01
KL30-08 113.2 115.5 0.0294 294 0.03 1 84 125 8 118 3 3 1 2.8 35 0.01
KL30-08 115.5 117.4 0.0241 241 0.04 0.9 403 280 5 35 1 2 1.1 2.3 90 0.01
KL30-08 117.4 119.5 0.0269 269 0.04 1 480 330 10 83 1 2 1.2 1.5 39 0.01
KL30-08 119.5 122.5 0.045 450 0.12 13.3 950 9900 20 407 7 2 5.9 8.3 86 0.01
KL30-08 122.5 125.5 0.319 3190 0.29 7.1 238 194 68 159 22 10 2 25.7 61 0.01
KL30-08 125.5 128.5 0.085 850 0.14 7.5 3480 3400 30 10 4 3 4.9 8.0 33 0.01
KL30-08 128.5 131.5 0.121 1210 0.12 2.7 113 63 34 6 4 2 2.1 2.1 41 0.01
KL30-08 131.5 134.5 0.418 4180 0.31 9.2 321 319 18 20 8 8 1.3 6.8 55 0.01
KL30-08 134.5 137.6 0.23 2300 0.21 6.1 570 550 12 10 2 10 1.7 5.3 78 0.01
KL30-08 137.6 140.5 0.392 3920 0.26 8.5 460 193 8 18 2 6 1.2 8.3 35 0.01
KL30-08 140.5 143.5 0.348 3480 0.31 7.8 210 323 17 12 5 8 3.3 7.5 61 0.01
KL30-08 143.5 146.5 0.227 2270 0.11 5.6 213 181 11 105 2 5 2.4 2.5 20 0.01
KL30-08 146.5 149.5 0.189 1890 0.1 4.1 112 326 12 171 3 8 1.7 2.8 48 0.01
KL30-08 149.5 152.5 0.314 3140 0.2 12 910 2230 16 240 3 10 4.5 7.0 27 0.01
KL30-08 152.5 154.1 0.0164 164 0.03 1.3 164 540 13 131 0.01 3 2.6 0.5 56 0.01
KL30-08 154.1 157.2 0.0384 384 0.05 4.8 2430 870 81 120 6 10 3.8 13.3 17 0.01
KL30-08 157.2 158.5 0.0033 33 0.03 2.2 1020 383 120 6 7 2 2.1 2.8 16 0.01
KL30-08 158.5 161.1 0.0036 36 0.05 4.7 1650 293 130 6 14 2 3.8 4.1 11 0.01
KL30-08 161.1 164.2 0.161 1610 4.65 152 35200 74000 350 30 104 5 68 62.8 38 0.19
KL30-08 164.2 165.5 0.061 610 0.25 41 22700 20800 120 18 7 2 38 34.0 18 0.14
KL30-08 165.5 167.5 0.0147 147 0.09 14.6 5400 9800 38 12 2 1 22 10.8 17 0.01
KL30-08 167.5 170.5 0.009 90 0.02 6.6 3660 3260 21 13 1 1 5.6 5.8 16 0.01
KL30-08 170.5 173.5 0.0185 185 0.06 29.5 11500 22500 52 10 0.01 1 40 8.8 20 0.1
KL30-08 173.5 176.2 0.0324 324 0.42 29.4 28100 19200 220 12 7 1 32 12.5 19 1.22
KL30-08 176.2 178.6 0.069 690 0.1 46 47800 39700 87 18 2 1 40 13.5 9 0.27
KL30-08 178.6 180.6 0.0082 82 0.08 6.8 6900 6000 51 12 1 2 7.3 8.0 10 0.12
KL30-08 180.6 183.3 0.0192 192 0.1 8.3 6800 8300 64 36 4 1 7 8.5 15 0.17
KL30-08 183.3 185.2 0.0118 118 0.04 6.7 6600 7800 12 21 0.01 2 5.7 5.5 16 0.01
KL30-08 185.2 188.3 0.0054 54 0.03 17.7 5900 4000 16 8 0.01 3 7.7 6.0 7 0.01



Appendix V - 192 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-08 188.3 190.3 0.0116 116 0.03 39 5700 10200 16 20 0.01 1 19 8.1 13 0.01
KL30-08 190.3 193.1 0.0142 142 0.02 2.3 1770 3500 35 85 2 1 3.7 6.3 22 0.01
KL30-08 193.1 196.3 0.0156 156 0.03 1.8 3470 3150 18 122 5 1 2 12.8 21 0.01
KL30-08 196.3 197.5 0.0185 185 0.04 3.5 4880 3400 17 77 6 9 2.2 10.4 33 0.01
KL30-08 197.5 200.5 0.01 100 0.03 1.9 1310 1360 12 143 5 2 1.2 8.5 22 0.01
KL30-08 200.5 202.9 0.0256 256 0.09 11.8 9000 10300 26 312 34 2 4.2 31.7 32 0.01
KL30-08 202.9 205.7 0.0123 123 0.03 3.7 1590 2410 38 73 14 1 2 11.3 25 0.01
KL30-08 205.7 208.7 0.0094 94 0.02 1.2 950 1530 10 80 3 2 1.4 7.0 19 0.01
KL30-08 208.7 211.8 0.0024 24 0.01 1 540 730 8 21 0.01 1 1 3.8 12 0.01
KL30-08 211.8 214.9 0.0099 99 0.01 6.7 8300 8900 11 31 1 1 6.5 12.3 15 0.01
KL30-08 214.9 217.5 0.0044 44 0.01 1 379 630 5 26 2 1 0.6 3.0 12 0.01
KL30-08 217.5 219.1 0.0055 55 0.01 1.3 1670 1400 10 29 1 1 1 7.3 11 0.01
KL30-08 219.1 221.1 0.0052 52 0.01 0.9 910 1430 8 42 3 1 0.7 6.5 14 0.01
KL30-08 221.1 222.6 0.0045 45 0.01 0.5 600 630 6 94 2 1 0.4 4.3 14 0.01
KL30-08 222.6 225.6 0.0086 86 0.02 1.7 1650 1920 6 132 8 2 0.6 11.3 16 0.01
KL30-08 225.6 227.5 0.007 70 0.03 1.8 750 1250 16 41 11 1 0.7 15.8 11 0.01
KL30-08 227.5 229.7 0.0079 79 0.01 0.1 650 660 4 16 0.01 1 0.8 5.0 16 0.01
KL30-08 229.7 232.8 0.01 100 0.02 1.2 3080 2470 7 43 4 2 1.1 10.0 12 0.01
KL30-08 232.8 235.2 0.0157 157 0.04 2.2 6700 4600 11 64 2 1 3.2 13.0 10 0.01
KL30-08 235.2 237 0.0205 205 0.03 2.5 1570 1740 19 207 10 3 0.9 8.0 14 0.01
KL30-08 237 238.9 0.092 920 0.21 13.8 12400 16800 41 278 100 2 3.1 69.8 24 0.01
KL30-08 238.9 242 0.0318 318 0.1 5.7 4410 6000 21 235 28 5 2.1 48.5 16 0.01
KL30-08 242 245 0.06 600 0.26 12.6 15600 17900 21 455 58 5 1.5 59.8 30 0.01
KL30-08 245 248.1 0.179 1790 1.06 51 28600 65600 49 680 184 2 20 301.0 38 0.01
KL30-08 248.1 251.1 0.0215 215 0.04 3.9 2080 1830 7 40 22 1 0.5 20.0 15 0.01
KL30-08 251.1 253.2 0.0119 119 0.05 2.6 1050 750 11 45 10 1 1.3 5.8 22 0.01
KL30-08 253.2 256.3 0.0093 93 0.05 4.2 1430 1600 16 48 22 1 0.8 15.8 17 0.01
KL30-08 256.3 258.1 0.0069 69 0.02 1.1 359 610 7 16 7 2 0.4 1.0 15 0.01
KL30-08 258.1 260.5 0.008 80 0.03 1.1 570 398 6 23 9 1 0.7 2.6 18 0.01
KL30-08 260.5 262 0.0074 74 0.02 4 1250 1840 9 14 12 1 1 6.3 13 0.01
KL30-08 262 263.5 0.0037 37 0.03 1.6 650 760 18 9 5 2 0.7 4.5 12 0.01
KL30-08 263.5 266.5 0.0069 69 0.02 3.6 750 1560 14 23 11 3 1.1 6.8 17 0.01
KL30-08 266.5 269.5 0.0083 83 0.02 1.7 2330 1350 13 14 3 3 1 4.0 13 0.01
KL30-08 269.5 271.8 0.026 260 0.05 6 12600 1380 29 32 18 1 1.6 14.9 21 0.01
KL30-08 271.8 274.8 0.0091 91 0.04 12.8 4410 6500 28 19 34 2 2.3 15.3 12 0.01
KL30-08 274.8 277.9 0.077 770 0.04 1.3 2840 500 42 15 8 5 1.6 3.5 19 0.01
KL30-08 277.9 281 0.104 1040 0.13 3.6 1570 940 38 25 14 5 0.9 12.0 32 0.01
KL30-08 281 283.6 0.049 490 0.07 1.6 510 119 11 7 1 1 0.4 1.8 19 0.01
KL30-08 283.6 286.4 3.83 38300 3.48 12.7 199 54 8 68 5 58 0.6 18.0 59 0.01
KL30-08 286.4 289.5 0.0385 385 0.07 0.6 3810 178 10 14 2 7 4.8 4.5 21 0.01
KL30-08 289.5 292 0.067 670 0.06 0.6 1790 200 19 9 3 6 0.8 4.8 21 0.01
KL30-08 292 293.2 0.045 450 0.04 0.1 690 372 8 7 3 2 1 2.8 16 0.01
KL30-08 293.2 295.3 0.0208 208 0.01 0.7 400 77 10 13 1 2 0.4 1.0 19 0.01
KL30-08 295.3 298
KL30-08 298 299.5
KL30-08 299.5 301.5
KL30-08 301.5 304.6
KL30-08 304.6 306.4
KL30-08 306.4 308.5
KL30-08 308.5 311.5
KL30-08 311.5 314.5
KL30-08 314.5 317.5
KL30-08 317.5 320.5
KL30-08 320.5 323.5
KL30-08 323.5 326.5
KL30-08 326.5 329.5
KL30-08 329.5 332.5
KL30-08 332.5 335.5
KL30-08 335.5 338.5
KL30-08 338.5 341.5
KL30-08 341.5 344.5
KL30-08 344.5 346
KL30-08 346 347.5 1.34 13400 1.13 9.2 2600 37 1 4 1 57 0.7 9.0 16 0.01



Appendix V - 193 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-08 347.5 350.5 2.11 21100 1.6 8.7 1610 19 2 8 2 79 0.9 9.5 15 0.01
KL30-08 350.5 353.5 0.52 5200 0.99 1.6 241 36 7 44 1 28 2 18.3 12 0.01
KL30-08 353.5 356.5 0.89 8900 1.09 2 172 25 1 81 0.01 41 0.2 15.0 12 0.01
KL30-08 356.5 359.5 0.56 5600 0.7 1.6 177 36 3 96 1 29 0.3 13.2 15 0.01
KL30-08 359.5 362.5 1.27 12700 1.13 3.8 288 30 3 50 1 47 0.3 23.0 13 0.01
KL30-08 362.5 365.5 2.76 27600 1.47 4.8 372 29 1 128 0.01 38 0.5 14.0 36 0.01
KL30-08 365.5 368.5 3.78 37800 2.03 5.6 400 20 0.01 253 0.01 41 0.3 15.0 12 0.01
KL30-08 368.5 371.5 2.15 21500 1.17 3.8 278 25 0.01 460 0.01 38 0.2 15.0 14 0.01
KL30-08 371.5 374.5 1.46 14600 0.73 2.4 163 27 0.01 34 0.01 27 0.01 9.5 13 0.01
KL30-08 374.5 377.5 0.86 8600 0.48 2.2 121 21 2 72 0.01 16 0.2 5.5 25 0.01
KL30-08 377.5 380.5 0.67 6700 0.34 2.1 106 14 1 36 0.01 13 0.2 7.0 20 0.01
KL30-08 380.5 383.5 0.95 9500 0.45 1.9 136 28 0.01 33 0.01 14 0.01 7.0 38 0.01
KL30-08 383.5 386.5 1 10000 0.56 2.2 147 24 1 53 0.01 15 0.01 7.8 33 0.01
KL30-08 386.5 388 1.29 12900 0.69 2.3 145 56 0.01 34 0.01 16 0.01 7.0 59 0.01
KL30-08 388 389.8 0.84 8400 1.01 2.7 149 17 0.01 19 0.01 18 0.01 10.7 50 0.01
KL30-08 389.8 392.5 0.56 5600 0.27 1.3 88 30 0.01 403 0.01 9 0.01 4.0 60 0.01
KL30-08 392.5 395.5 0.337 3370 0.13 1.2 54 14 0.01 151 0.01 10 0.01 2.5 54 0.01
KL30-08 395.5 397 0.392 3920 0.12 1.2 70 20 0.01 220 0.01 10 0.01 3.3 72 0.01
KL30-08 397 398.5 1.06 10600 0.57 1.7 90 13 0.01 31 0.01 16 0.01 5.5 53 0.01
KL30-08 398.5 401.5 0.91 9100 0.44 1.5 115 14 0.01 76 0.01 16 0.01 3.0 62 0.01
KL30-08 401.5 404.5 0.93 9300 0.61 1.8 177 66 0.01 70 0.01 11 0.01 6.5 78 0.01
KL30-08 404.5 407.5 1.6 16000 0.55 9.3 1450 810 46 24 11 8 17.9 14.3 90 0.01
KL30-08 407.5 410.5 3.49 34900 0.71 14 10000 1410 24 85 14 8 7.1 17.5 70 0.2
KL30-08 410.5 413.5 0.88 8800 0.41 3.9 203 89 4 33 4 11 0.8 6.0 51 0.01
KL30-08 413.5 416.5 0.8 8000 0.52 1.3 88 18 2 25 0.01 11 0.01 3.0 72 0.01
KL30-08 416.5 419.5 0.97 9700 0.71 1.8 650 62 2 93 0.01 11 0.2 5.5 80 0.01
KL30-08 419.5 422.5 1.2 12000 0.91 4.2 9800 1990 19 86 4 10 7.2 8.0 73 0.12
KL30-08 422.5 425.5 0.492 4920 0.43 0.8 43 12 1 175 0.01 6 0.2 3.3 84 0.01
KL30-08 425.5 428.5 0.84 8400 0.7 1.4 55 11 3 70 1 10 0.01 4.5 91 0.01
KL30-08 428.5 431.5 0.81 8100 0.5 1.3 68 10 5 22 0.01 7 0.01 4.0 74 0.01
KL30-08 431.5 434.5 0.8 8000 0.59 1.1 124 20 3 25 0.01 10 0.01 4.3 84 0.01
KL30-08 434.5 437.5 0.457 4570 0.33 1 54 26 3 114 0.01 8 0.01 2.8 80 0.01
KL30-08 437.5 440.5 0.61 6100 0.45 1.2 80 52 1 51 0.01 10 0.3 3.2 69 0.01
KL30-08 440.5 443.5 0.58 5800 0.67 1.1 92 15 4 26 2 9 0.01 4.0 81 0.01
KL30-08 443.5 446.5 0.7 7000 0.47 1.2 53 13 2 29 0.01 7 0.01 4.0 78 0.01
KL30-08 446.5 449.5 0.446 4460 0.35 1 63 13 2 22 0.01 7 0.01 3.1 75 0.01
KL30-08 449.5 452.5 0.54 5400 0.44 1 71 15 0.01 22 0.01 7 0.01 3.3 76 0.01
KL30-08 452.5 455.5 0.56 5600 0.36 1.3 87 15 3 23 0.01 8 0.2 3.3 66 0.01
KL30-08 455.5 458.5 0.467 4670 0.27 1 51 15 1 32 0.01 9 0.01 3.2 71 0.01
KL30-08 458.5 461.5 0.67 6700 0.42 1.3 89 21 0.01 25 0.01 13 0.2 4.3 62 0.01
KL30-08 461.5 464.5 0.74 7400 0.3 2 188 42 1 27 0.01 10 0.2 4.3 56 0.01
KL30-08 464.5 467.5 0.77 7700 0.34 1.4 99 14 1 19 0.01 16 0.3 4.5 48 0.01
KL30-08 467.5 470.5 0.447 4470 0.38 1.6 111 97 5 45 3 10 0.6 4.8 47 0.01
KL30-08 470.5 473.5 0.396 3960 0.25 1.1 77 14 1 29 0.01 10 0.01 2.5 68 0.01
KL30-08 473.5 476.5 0.63 6300 0.36 1.7 81 12 1 48 0.01 11 0.2 3.8 52 0.01
KL30-08 476.5 477.5 0.74 7400 0.43 1.7 74 16 5 17 0.01 12 0.01 4.8 41 0.01
KL30-08 477.5 482.3 0.84 8400 0.39 2.9 100 13 5 88 0.01 10 0.01 4.3 41 0.01
KL30-08 482.3 484.6 0.302 3020 0.28 1.1 72 22 2 77 0.01 6 0.01 1.8 28 0.01
KL30-08 484.6 486.1 0.65 6500 0.4 1.6 93 15 2 9 0.01 8 0.01 4.8 42 0.01
KL30-08 486.1 488 0.69 6900 0.44 1.5 89 13 3 16 0.01 12 0.2 3.2 61 0.01
KL30-08 488 489.5 0.53 5300 0.25 0.9 460 45 5 11 2 11 0.3 4.3 56 0.01
KL30-08 489.5 491.5 0.59 5900 0.22 1.5 169 28 3 10 1 4 0.2 3.8 67 0.01
KL30-08 491.5 494.5 0.59 5900 0.38 1.3 48 23 1 8 1 4 0.01 4.3 73 0.01
KL30-08 494.5 497.5 0.64 6400 0.3 1.5 86 41 2 12 1 7 0.01 4.5 52 0.01
KL30-08 497.5 500.5 0.52 5200 0.48 1.8 69 32 9 6 2 5 0.4 4.3 143 0.01
KL30-08 500.5 503.5 0.424 4240 0.11 1.3 174 63 15 6 2 3 0.3 3.1 76 0.01
KL30-08 503.5 506.5 0.56 5600 0.39 1.6 88 38 45 22 2 10 0.3 3.3 66 0.01
KL30-08 506.5 509.5 0.67 6700 0.48 2.5 208 54 5 21 2 12 0.2 4.8 59 0.01
KL30-08 509.5 512.1 0.61 6100 0.35 2.2 54 29 5 14 3 11 0.01 12.0 65 0.01
KL30-08 512.1 515.2 0.93 9300 0.78 3.3 26 13 7 16 3 11 0.5 5.0 98 0.01
KL30-08 515.2 518.3 0.8 8000 0.34 1.4 71 110 9 10 0.01 7 1.1 4.2 102 0.01
KL30-08 518.3 521.4 0.519 5190 0.27 0.8 26 26 2 13 1 4 0.6 5.5 56 0.01
KL30-08 521.4 524.5 0.356 3560 0.17 1 35 21 3 6 2 4 0.4 4.5 68 0.01



Appendix V - 194 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-08 524.5 527.5 0.25 2500 0.1 1 114 58 28 4 3 7 0.2 4.8 54 0.01
KL30-08 527.5 530.5 0.268 2680 0.15 1.5 500 163 120 20 5 13 3.9 7.2 42 0.01
KL30-08 530.5 533.5 0.523 5230 0.3 0.8 490 53 5 21 1 6 0.01 3.0 95 0.01
KL30-08 533.5 536.5 0.499 4990 0.16 1.5 140 64 39 19 2 7 0.5 5.3 146 0.01
KL30-08 536.5 539.5 0.521 5210 0.19 1.4 145 102 30 15 3 7 0.6 3.5 49 0.01
KL30-08 539.5 542.5 0.63 6300 0.17 1.4 65 20 1 16 2 6 0.01 3.0 52 0.01
KL30-08 542.5 545.5 0.545 5450 0.15 1.2 49 20 12 13 2 14 0.5 6.1 67 0.01
KL30-08 545.5 548.5 0.78 7800 0.18 1.8 58 18 1 14 1 7 0.01 5.0 70 0.01
KL30-08 548.5 551.5 0.42 4200 0.07 0.9 172 40 2 16 1 3 0.01 2.8 54 0.01
KL30-08 551.5 554.5 0.291 2910 0.1 1 81 30 41 34 2 9 1.5 5.5 30 0.01
KL30-08 554.5 557.5 0.462 4620 0.08 1 41 19 26 32 2 8 1.9 4.9 149 0.01
KL30-08 557.5 560.5 0.152 1520 0.11 0.1 23 33 39 56 1 7 1 4.3 119 0.01
KL30-08 560.5 563.5 0.542 5420 0.3 1.4 45 20 11 28 1 9 0.2 3.1 62 0.01
KL30-08 563.5 566.5 0.64 6400 0.18 1.8 65 18 5 37 1 4 0.7 4.0 132 0.01
KL30-08 566.5 569.5 0.447 4470 0.09 1.1 28 12 6 32 1 3 0.5 3.5 114 0.01
KL30-08 569.5 572.5 0.24 2400 0.06 1 35 16 40 60 1 7 0.6 4.5 82 0.01
KL30-08 572.5 575.5 0.63 6300 0.32 1.5 108 43 36 61 5 28 1.5 14.9 108 0.01
KL30-08 575.5 578.5 0.96 9600 0.64 2.4 47 29 4 16 2 6 0.2 4.8 110 0.01
KL30-08 578.5 581.5 0.72 7200 0.43 1.7 103 56 6 30 2 10 1 4.7 96 0.01
KL30-08 581.5 584.5 0.437 4370 0.19 1.3 81 25 2 59 0.01 6 0.01 2.6 178 0.01
KL30-08 584.5 587.5 0.56 5600 0.25 1.1 32 10 2 26 0.01 6 0.01 3.8 110 0.01
KL30-08 587.5 590.5 0.77 7700 0.3 2.2 84 44 3 43 1 8 0.01 4.5 107 0.01
KL30-08 590.5 593.5 0.78 7800 0.34 2.1 108 27 4 21 1 7 0.01 5.3 88 0.01
KL30-08 593.5 596.5 0.427 4270 0.17 1.5 70 33 1 30 0.01 5 0.2 3.8 107 0.01
KL30-08 596.5 599.5 0.6 6000 0.12 1.6 56 18 2 24 0.01 4 0.2 3.8 126 0.01
KL30-08 599.5 602.5 0.26 2600 0.04 1.2 102 33 7 28 0.01 2 0.01 2.8 78 0.01
KL30-08 602.5 605.5 0.176 1760 0.08 1.3 400 231 8 42 2 7 0.4 3.8 58 0.01
KL30-08 605.5 608.5 0.098 980 0.04 0.8 98 60 8 56 1 5 0.01 4.3 41 0.01
KL30-08 608.5 611.5 0.23 2300 0.06 1.1 490 117 27 51 1 4 0.4 3.3 45 0.01
KL30-08 611.5 614.5 0.18 1800 0.06 1.1 119 92 9 62 2 4 1.3 2.7 108 0.01
KL30-08 614.5 617.5 0.158 1580 0.07 0.8 66 28 16 54 1 3 0.6 3.3 40 0.01
KL30-08 617.5 620.5 0.052 520 0.05 0.1 34 14 3 31 1 5 0.8 4.5 83 0.01
KL30-08 620.5 623.5 0.101 1010 0.05 0.1 43 18 4 29 1 3 0.4 2.5 36 0.01
KL30-08 623.5 626.5 0.3 3000 0.09 0.1 149 52 3 31 1 9 0.3 2.8 116 0.01
KL30-08 626.5 629.5 0.171 1710 0.07 1.4 150 41 41 33 3 8 1.1 8.0 85 0.01
KL30-08 629.5 632.5 0.455 4550 0.07 1.1 86 16 4 20 1 6 0.01 3.0 102 0.01
KL30-08 632.5 635.5 0.25 2500 0.04 0.1 30 8 1 18 0.01 5 0.01 2.5 135 0.01
KL30-08 635.5 638.5 0.31 3100 0.05 0.7 113 53 28 17 1 5 0.01 3.3 63 0.01
KL30-08 638.5 641.5 0.22 2200 0.06 0.1 66 50 55 11 1 5 0.01 2.3 64 0.01
KL30-08 641.5 644.5 0.24 2400 0.08 1.5 86 35 130 30 3 5 0.5 5.4 28 0.01
KL30-08 647.5 650.5 0.27 2700 0.07 1.2 110 51 3 230 1 7 0.2 2.3 67 0.01
KL30-08 650.5 653.5 0.399 3990 0.1 1.6 70 25 2 185 3 8 0.01 3.1 71 0.01
KL30-08 653.5 656.5 0.28 2800 0.05 0.9 103 18 43 59 3 7 0.2 2.5 54 0.01
KL30-08 656.5 659.5 0.3 3000 0.03 0.8 14 8 2 25 1 3 0.01 1.5 53 0.01
KL30-08 659.5 662.5 0.29 2900 0.06 1.4 180 26 8 40 1 4 0.3 3.8 48 0.01
KL30-08 662.5 665.5 0.3 3000 0.09 0.8 42 14 3 29 1 3 0.3 3.5 68 0.01
KL30-08 665.5 668.5 0.373 3730 0.08 1.3 58 18 95 37 2 5 0.7 4.0 73 0.13
KL30-08 668.5 671.5 0.204 2040 0.05 0.9 76 18 9 38 1 5 0.5 3.0 78 0.01
KL30-08 671.5 674.5 0.28 2800 0.05 1 410 69 5 52 1 4 0.4 3.3 41 0.01
KL30-08 674.5 677.5 0.22 2200 0.04 0.8 32 16 1 45 1 3 0.3 2.0 58 0.01
KL30-08 677.5 680.5 0.24 2400 0.03 0.9 121 33 3 180 0.01 5 0.7 2.8 50 0.01
KL30-08 680.5 683.5 0.22 2200 0.05 1.2 149 65 9 30 1 5 1.4 3.3 48 0.01
KL30-08 683.5 686.5 0.64 6400 0.12 1.5 27 18 5 31 2 4 1.9 5.4 61 0.01
KL30-08 686.5 689.5 0.29 2900 0.04 1.5 103 46 5 30 1 5 0.4 1.8 44 0.01
KL30-08 689.5 692.5 0.382 3820 0.06 1 32 17 7 27 1 8 0.01 2.8 96 0.01
KL30-08 692.5 695.5 0.25 2500 0.06 1.2 119 39 5 21 2 6 0.2 3.5 55 0.01
KL30-08 695.5 698.5 0.22 2200 0.09 0.1 33 10 4 26 1 7 0.7 4.3 45 0.01
KL30-08 698.5 701.5 0.418 4180 0.12 1.3 25 10 3 15 3 8 0.4 3.8 118 0.01
KL30-08 701.5 704.5 0.22 2200 0.07 1.4 215 138 8 28 2 6 0.4 3.8 54 0.01
KL30-08 704.5 707.5 0.481 4810 0.11 1.5 41 16 0.01 64 3 8 0.5 4.3 83 0.01
KL30-08 707.5 710.5 0.62 6200 0.05 2.3 145 32 21 13 2 6 0.5 3.5 80 0.01
KL30-08 710.5 713.5 0.25 2500 0.06 1.1 39 17 2 24 0.01 6 0.01 2.1 139 0.01
KL30-08 713.5 716.5 0.3 3000 0.04 1.3 45 16 1 20 1 6 0.2 3.0 139 0.01



Appendix V - 195 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-08 716.5 719.5 0.28 2800 0.03 1.3 54 20 1 46 0.01 5 0.01 2.0 145 0.01
KL30-08 719.5 722.5 0.25 2500 0.05 1.3 74 39 2 58 1 6 0.01 2.0 131 0.01
KL30-08 722.5 725.5 0.21 2100 0.02 1.2 52 27 2 23 0.01 5 0.01 1.3 132 0.01
KL30-08 725.5 728.5 0.161 1610 0.01 0.8 42 19 1 16 0.01 4 0.2 1.8 69 0.01
KL30-08 728.5 731.5 0.168 1680 0.02 1.3 199 79 150 15 1 4 2.3 1.8 66 0.01
KL30-08 731.5 734.5 0.181 1810 0.03 0.1 150 53 1 10 1 4 0.01 1.0 70 0.01
KL30-08 734.5 737.4 0.26 2600 0.03 1.3 253 71 15 18 3 5 1.4 2.3 40 0.01
KL30-08 737.4 740.5 0.408 4080 0.04 2.2 161 49 35 21 3 7 3.3 3.1 43 0.01
KL30-08 740.5 743.5 0.24 2400 0.03 1.5 800 160 10 16 3 5 0.4 3.5 40 0.01
KL30-08 743.5 746.5 0.199 1990 0.02 0.6 182 48 9 19 2 5 0.3 3.3 51 0.01
KL30-08 746.5 749.5 0.197 1970 0.02 1 133 43 2 46 1 7 0.2 2.1 98 0.01
KL30-08 749.5 752.5 0.198 1980 0.05 0.6 53 13 2 17 1 5 0.2 2.8 93 0.01
KL30-08 752.5 755.5 0.192 1920 0.04 0.9 28 6 2 22 1 6 0.01 2.0 94 0.01
KL30-08 755.5 758.5 0.381 3810 0.04 1.1 108 34 8 45 2 9 0.3 3.8 82 0.01
KL30-08 758.5 761.5 0.497 4970 0.21 2.1 35 11 3 29 3 11 0.6 4.3 94 0.01
KL30-08 761.5 764.5 0.29 2900 0.1 0.8 26 7 2 29 1 8 0.01 2.5 97 0.01
KL30-08 764.5 767.5 0.29 2900 0.06 1.1 30 9 2 28 2 7 0.01 3.6 46 0.01
KL30-08 767.5 770.5 0.28 2800 0.04 1.1 44 14 1 51 2 8 0.3 3.5 76 0.01
KL30-08 770.5 773.5 0.196 1960 0.03 1 60 20 3 29 1 5 0.2 3.0 87 0.01
KL30-08 773.5 776.6 0.29 2900 0.02 1.3 38 18 2 27 2 4 0.01 1.7 106 0.01
KL30-08 776.6 779.5 0.76 7600 0.06 2.2 570 59 84 16 2 4 0.01 4.2 63 0.01
KL30-08 779.5 782.5 0.167 1670 0.04 0.6 132 29 2 17 2 6 0.2 2.9 91 0.01
KL30-08 782.5 785 0.52 5200 0.48 1.8 69 32 9 6 2 5 0.4 4.3 143 0.01
KL30-08 785 788.1 0.23 2300 0.03 0.8 120 40 2 32 1 4 0.01 1.7 94 0.01
KL30-08 788.1 791.2 0.22 2200 0.01 1.1 145 53 200 22 1 5 1 1.7 80 0.01
KL30-08 791.2 794.3 0.21 2100 0.01 0.9 126 72 3 16 1 5 0.01 1.7 65 0.01
KL30-08 794.3 797.4 0.148 1480 0.01 0.8 184 45 44 14 2 5 7.4 2.5 83 0.01
KL30-08 797.4 800.5 0.143 1430 0.02 0.1 93 29 91 24 2 3 1.5 1.6 51 0.01
KL30-08 800.5 803.5 0.409 4090 0.09 1.4 62 54 130 28 2 4 18 2.3 54 0.45
KL30-08 803.5 806.5 0.461 4610 0.07 1.2 86 32 1 29 1 6 0.01 1.2 68 0.01
KL30-08 806.5 809.5 0.3 3000 0.08 1 67 26 3 20 1 6 0.01 1.5 116 0.01
KL30-08 809.5 812.5 0.3 3000 0.13 2.4 205 44 9 21 0.01 7 0.8 2.0 83 0.01
KL30-08 812.5 815.5 0.2 2000 0.02 0.7 24 10 3 55 0.01 4 0.01 1.3 100 0.01
KL30-08 815.5 818.5 0.3 3000 0.07 1.4 73 24 5 24 0.01 6 0.9 1.2 66 0.01
KL30-08 818.5 821.5 0.22 2200 0.07 1 45 28 5 51 1 5 0.2 1.6 72 0.01
KL30-08 821.5 823.6 0.21 2100 0.04 0.6 56 32 25 21 0.01 6 0.6 1.2 99 0.01
KL30-08 823.6 826.7 0.189 1890 0.04 0.9 55 17 140 20 4 4 7.3 2.2 93 0.01
KL30-08 826.7 829.8 0.172 1720 0.02 0.6 31 15 1 26 0.01 4 0.01 1.6 113 0.01
KL30-08 829.8 832.9 0.25 2500 0.1 0.8 26 9 2 23 0.01 5 0.01 1.3 144 0.01
KL30-08 832.9 836 0.24 2400 0.05 0.1 35 12 4 12 1 5 0.01 1.4 93 0.01
KL30-08 836 839.1 0.129 1290 0.02 0.1 15 7 6 20 0.01 3 0.4 1.8 46 0.01
KL30-08 839.1 842.2 0.178 1780 0.03 0.1 15 7 14 25 1 4 2.1 1.9 32 0.01
KL30-08 842.2 845.4 0.23 2300 0.03 0.8 47 20 5 15 0.01 5 0.6 1.0 82 0.01
KL30-08 845.4 848.5 0.27 2700 0.04 0.7 14 11 2 18 1 3 0.2 2.4 69 0.01
KL30-08 848.5 851.5 0.119 1190 0.02 0.1 15 10 3 23 0.01 4 0.3 2.7 85 0.01
KL30-08 851.5 854.5 0.097 970 0.02 0.1 12 9 27 31 0.01 3 1.6 1.1 74 0.01
KL30-08 854.5 857.3 0.075 750 0.06 0.1 60 28 130 31 2 3 6 2.5 123 0.01
KL30-08 857.3 860.4 0.176 1760 0.02 0.8 46 19 4 42 1 4 0.01 1.8 69 0.01
KL30-08 860.4 863.5 0.187 1870 0.04 0.1 22 22 64 40 2 4 3.5 1.6 89 0.01
KL30-08 863.5 866.5 0.2 2000 0.06 0.6 34 19 8 54 1 4 0.5 1.6 100 0.01
KL30-08 866.5 869.5 0.176 1760 0.03 1 32 13 30 48 0.01 3 0.7 0.9 108 0.01
KL30-08 869.5 872.5 0.163 1630 0.04 0.9 14 11 2 23 0.01 3 0.01 0.8 160 0.01
KL30-08 872.5 875.5 0.23 2300 0.02 0.8 31 22 2 20 0.01 5 0.01 1.3 137 0.01
KL30-08 875.5 878.5 0.22 2200 0.03 0.9 17 14 46 17 0.01 6 2.5 3.1 115 0.01
KL30-08 878.5 881.5 0.22 2200 0.05 0.9 15 9 3 16 0.01 4 0.01 1.0 140 0.01
KL30-08 881.5 884.5 0.21 2100 0.02 0.7 54 26 2 13 0.01 5 0.01 1.0 107 0.01
KL30-08 884.5 887.5 0.22 2200 0.04 0.1 12 9 6 23 0.01 5 0.2 1.1 117 0.01
KL30-08 887.5 890.5 0.25 2500 0.18 0.8 20 15 5 17 0.01 4 0.01 1.1 106 0.01
KL30-08 890.5 893.5 0.105 1050 0.05 0.7 84 57 260 19 0.01 5 12.8 2.9 46 0.22
KL30-08 893.5 896.5 0.25 2500 0.06 2.4 166 21 850 18 0.01 5 26 2.4 58 0.67
KL30-08 896.5 899.5 0.159 1590 0.04 2.4 93 15 440 20 2 6 26 3.7 49 0.38
KL30-08 899.5 902.5 0.194 1940 0.02 0.5 60 28 160 68 1 12 3.9 1.9 82 0.11
KL30-08 902.5 905.5 0.188 1880 0.06 0.1 65 41 87 27 0.01 8 0.6 2.4 63 0.01



Appendix V - 196 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-08 905.5 908.5 0.208 2080 0.02 0.6 59 26 5 34 0.01 6 0.7 2.0 84 0.01
KL30-08 908.5 911.5 0.155 1550 0.04 0.1 141 31 7 15 1 41 0.4 4.7 65 0.01
KL30-08 911.5 914.5 0.049 490 0.01 0.1 42 21 47 32 1 14 2.6 5.0 44 0.01
KL30-08 914.5 917.5 0.25 2500 0.03 0.7 89 41 4 36 1 5 0.5 2.3 73 0.01
KL30-08 917.5 920.5 0.179 1790 0.04 0.1 72 30 6 31 1 10 0.5 2.5 107 0.01
KL30-08 920.5 923.5 0.17 1700 0.14 10.3 292 550 700 25 2 19 240 5.5 50 3.35
KL30-08 923.5 926.8 0.169 1690 0.12 4.9 81 65 310 26 1 8 128 2.8 62 0.74
KL30-09 0 2 0.89 8900 0.34 1.6 43 25 35 2 20 32 1.4 35.5 85 0.01
KL30-09 2 4.5 0.93 9300 0.34 2.3 39 20 30 2 26 96 1.6 35.9 192 0.01
KL30-09 4.5 7.5 1.16 11600 0.44 2.5 40 21 21 2 42 84 1.1 42.2 181 0.01
KL30-09 7.5 9.7 0.391 3910 1.12 1.3 77 10 23 3 40 35 0.6 13.0 140 0.01
KL30-09 9.7 12.9 1.17 11700 0.44 2.9 51 18 21 3 30 56 1.3 40.0 135 0.01
KL30-09 12.9 16 0.87 8700 0.4 5.4 60 108 31 8 50 32 1.3 151.0 122 0.01
KL30-09 16 19 0.73 7300 0.4 2.6 43 44 66 10 46 38 1 52.6 201 0.01
KL30-09 19 22 0.99 9900 0.58 2.5 26 20 24 9 42 53 0.8 26.5 84 0.01
KL30-09 22 25 0.49 4900 0.44 1.5 22 19 13 8 54 37 0.7 22.5 140 0.01
KL30-09 25 28 0.57 5700 0.8 2.9 18 32 12 7 100 17 0.6 12.0 45 0.01
KL30-09 28 31 0.75 7500 0.82 2.1 22 31 10 19 70 21 0.5 13.5 40 0.01
KL30-09 31 34 0.427 4270 1.9 1.9 58 22 19 8 64 19 1.5 10.8 51 0.01
KL30-09 34 37 0.53 5300 4.42 5.6 118 27 22 20 79 25 2.8 8.5 122 0.01
KL30-09 37 38.2 0.67 6700 4.4 7.7 450 78 49 4 42 29 2.3 7.3 83 0.01
KL30-09 38.2 40 0.243 2430 1.45 3.4 124 21 14 48 101 20 0.6 15.3 42 0.01
KL30-09 40 43 0.268 2680 0.73 1 94 11 7 52 13 19 0.01 29.0 53 0.01
KL30-09 43 46 0.356 3560 0.77 1.8 76 13 14 50 12 20 1.2 12.5 126 0.01
KL30-09 46 49 0.73 7300 1.73 2.3 47 29 39 63 10 20 2.5 19.5 40 0.01
KL30-09 49 51.6 0.97 9700 2.46 2.8 55 27 12 92 9 19 1.7 15.5 113 0.01
KL30-09 51.6 53.5 1.1 11000 3.06 6.7 110 48 41 338 18 29 1.6 22.6 123 0.01
KL30-09 53.5 56.5 1.74 17400 1.79 38 73 33 23 288 62 50 1.5 51.0 138 0.01
KL30-09 56.5 59.5 1.8 18000 7.87 19 55 40 33 540 7 45 2 44.0 97 0.01
KL30-09 59.5 62.5 1.35 13500 0.96 7.1 70 18 16 420 8 18 0.9 21.3 52 0.01
KL30-09 62.5 65.5 0.57 5700 0.4 4 211 64 15 194 5 23 1 9.5 99 0.01
KL30-09 65.5 68.5 1.68 16800 1.94 26 109 36 17 152 6 35 1.8 21.0 96 0.01
KL30-09 68.5 71.5 1.91 19100 2.48 23.1 198 39 37 740 26 32 1.5 17.5 117 0.01
KL30-09 71.5 74.5 0.74 7400 0.45 4.3 68 11 16 215 3 22 0.3 8.4 63 0.01
KL30-09 74.5 77.5 1.68 16800 1.24 17.4 154 40 58 450 9 33 1.2 30.5 162 0.01
KL30-09 77.5 80.5 2.19 21900 3 15.2 74 31 35 227 9 53 1.8 48.0 97 0.01
KL30-09 80.5 83.5 1.5 15000 1.02 14.7 73 40 52 610 12 34 0.8 31.0 80 0.01
KL30-09 83.5 86.5 3.75 37500 3.8 23 85 26 30 460 50 43 1.6 19.5 67 0.01
KL30-09 86.5 89.5 7.14 71400 2.46 13.7 45 14 11 1180 2 61 0.4 40.0 141 0.01
KL30-09 89.5 92.5 1.2 12000 0.37 2 26 12 12 244 4 32 0.6 25.5 144 0.01
KL30-09 92.5 95.5 0.88 8800 0.27 1.6 26 15 6 252 4 15 0.3 20.0 103 0.01
KL30-09 95.5 98.5 1.26 12600 0.72 2.5 47 19 11 460 4 23 0.4 15.0 68 0.01
KL30-09 98.5 101.5 0.88 8800 0.43 1.7 35 10 3 315 4 24 0.2 17.0 80 0.01
KL30-09 101.5 104.5 1.06 10600 0.53 1.4 38 22 9 460 3 14 0.2 20.5 56 0.01
KL30-09 104.5 107.5 4.65 46500 0.96 10.2 19 12 8 650 7 8 0.3 21.0 64 0.01
KL30-09 107.5 108.5 3.75 37500 0.89 9.1 15 13 6 3600 9 7 0.5 23.0 131 0.01
KL30-09 108.5 110.5 0.343 3430 0.1 0.1 56 39 12 820 3 10 0.4 9.8 148 0.01
KL30-09 110.5 112 0.122 1220 0.08 0.6 7 8 4 680 2 9 0.2 8.8 76 0.01
KL30-09 112 115 0.12 1200 0.11 0.6 12 7 6 830 2 9 0.01 7.8 53 0.01
KL30-09 115 118 0.13 1300 0.11 0.1 20 10 4 540 2 10 0.01 9.8 72 0.01
KL30-09 118 121 0.457 4570 0.13 1.8 25 10 4 530 4 15 0.01 11.5 110 0.01
KL30-09 121 124 0.4 4000 0.12 0.1 24 9 2 920 1 8 0.01 10.8 80 0.01
KL30-09 124 127 0.53 5300 0.13 0.1 66 18 33 1070 2 9 0.8 12.3 72 0.01
KL30-09 127 130 0.138 1380 0.05 0.1 28 8 3 620 2 15 0.01 13.0 86 0.01
KL30-09 130 133 0.38 3800 0.15 0.7 14 8 6 910 3 16 0.01 13.7 49 0.01
KL30-09 133 136 0.175 1750 0.05 0.1 15 8 4 960 0.01 10 0.01 10.8 160 0.01
KL30-09 136 139 0.52 5200 0.1 0.7 7 6 3 550 0.01 8 0.01 9.3 110 0.01
KL30-09 139 142 0.196 1960 0.05 0.1 17 8 2 500 1 9 0.01 9.8 164 0.01
KL30-09 142 145 0.55 5500 0.14 1.2 18 7 3 590 1 14 0.01 14.5 118 0.01
KL30-09 145 148 0.265 2650 0.07 0.1 8 5 1 650 0.01 15 0.01 13.0 69 0.01
KL30-09 148 151 0.122 1220 0.07 0.1 23 12 1 480 1 10 0.01 12.5 117 0.01
KL30-09 151 154 0.58 5800 0.16 0.6 14 7 1 520 2 11 0.01 10.7 84 0.01
KL30-09 154 157 0.465 4650 0.09 0.1 8 6 0.01 385 1 23 0.01 13.8 82 0.01



Appendix V - 197 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-09 157 160 0.3 3000 0.1 0.1 9 6 2 364 1 12 0.01 9.6 56 0.01
KL30-09 160 163 0.396 3960 0.11 0.7 40 18 0.01 410 1 13 0.01 12.0 60 0.01
KL30-09 163 166 0.53 5300 0.11 0.1 9 8 1 480 1 12 0.01 10.0 54 0.01
KL30-09 166 169 0.42 4200 0.12 0.8 10 10 1 270 1 7 0.01 8.3 67 0.01
KL30-09 169 172 0.41 4100 0.11 0.6 96 44 0.01 238 1 17 0.01 9.5 108 0.01
KL30-09 172 173.5 0.65 6500 0.21 1.6 450 135 5 290 4 12 0.4 11.5 119 0.01
KL30-09 173.5 176.5 0.67 6700 0.2 0.8 26 18 2 383 3 6 0.4 8.3 105 0.01
KL30-09 176.5 179.5 0.442 4420 0.2 1 23 11 4 207 2 10 0.01 9.5 140 0.01
KL30-09 179.5 181.5 0.376 3760 0.13 0.8 37 15 5 276 1 9 0.3 6.0 66 0.01
KL30-09 181.5 182.5 0.73 7300 0.25 3.4 34 12 4 317 4 17 0.01 10.3 84 0.01
KL30-09 182.5 185 0.8 8000 0.55 4.3 61 17 3 135 6 18 0.01 9.3 98 0.01
KL30-09 185 187 0.23 2300 0.11 0.8 27 23 2 530 2 12 0.01 8.5 94 0.01
KL30-09 187 190 0.78 7800 0.27 2.2 79 43 10 340 8 12 0.2 10.8 83 0.01
KL30-09 190 193 0.58 5800 0.8 4.8 49 16 14 200 10 13 0.01 7.8 157 0.01
KL30-09 193 195.1 0.83 8300 0.83 4.7 47 23 7 122 3 16 0.01 8.8 108 0.01
KL30-09 195.1 197.5 1.06 10600 0.5 2.4 21 18 4 314 3 24 0.01 15.5 141 0.01
KL30-09 197.5 199 2.49 24900 0.56 2.4 25 22 8 156 3 23 0.01 17.0 182 0.01
KL30-09 199 202 1.82 18200 0.69 3.8 25 18 20 49 4 26 0.01 17.5 273 0.01
KL30-09 202 205 2.3 23000 0.87 3.1 27 19 17 460 3 62 0.01 48.0 211 0.01
KL30-09 205 206.6 0.7 7000 0.4 4.4 39 15 4 142 4 18 0.01 11.8 110 0.01
KL30-09 206.6 208 0.23 2300 0.18 1.3 26 25 21 94 3 20 0.01 17.5 133 0.01
KL30-09 208 211 0.486 4860 0.2 2 53 29 9 109 2 30 0.01 13.8 223 0.01
KL30-09 211 214 0.095 950 0.08 0.1 19 16 5 312 2 20 0.01 14.0 172 0.01
KL30-09 214 217 0.455 4550 0.11 1.5 31 17 5 229 1 16 0.01 8.3 84 0.01
KL30-09 217 220 0.8 8000 0.22 2.5 37 24 5 263 2 40 0.01 17.8 170 0.01
KL30-09 220 223 0.29 2900 0.1 0.8 16 11 2 167 1 19 0.01 7.5 112 0.01
KL30-09 223 226 0.138 1380 0.05 0.1 21 10 2 232 1 14 0.01 5.0 96 0.01
KL30-09 226 229 0.365 3650 0.05 1 25 13 2 324 3 14 0.01 8.0 102 0.01
KL30-09 229 232 0.346 3460 0.12 1.1 31 18 6 251 2 11 0.01 9.0 137 0.01
KL30-09 232 235 0.185 1850 0.08 0.8 22 15 11 409 1 15 0.01 9.6 111 0.01
KL30-09 235 238 0.422 4220 0.05 0.7 24 11 0.01 356 0.01 10 0.01 7.0 80 0.01
KL30-09 238 241 0.358 3580 0.05 0.7 22 12 1 210 1 16 0.01 11.8 91 0.01
KL30-09 241 244 0.468 4680 0.17 1.2 71 27 39 208 2 19 0.6 10.3 93 0.01
KL30-09 244 247 0.385 3850 0.09 1 20 17 5 197 1 17 0.01 8.3 101 0.01
KL30-09 247 250 0.29 2900 0.08 1 18 12 5 520 2 36 0.01 11.5 83 0.01
KL30-09 250 253 0.39 3900 0.07 1.4 315 83 5 197 4 17 0.01 11.5 143 0.01
KL30-09 253 256 0.26 2600 0.06 1.1 32 20 4 385 2 19 0.01 11.8 108 0.01
KL30-09 256 259 0.37 3700 0.13 1.3 540 201 5 430 1 33 0.01 17.8 128 0.01
KL30-09 259 261.5 0.5 5000 0.1 1.2 36 33 4 79 1 23 0.01 18.7 299 0.01
KL30-09 261.5 263.5 0.71 7100 0.26 1.8 18 20 3 138 1 20 0.01 8.8 294 0.01
KL30-09 263.5 266.5 0.461 4610 0.28 3.2 53 29 4 140 3 14 0.01 14.8 134 0.01
KL30-09 266.5 268.8 0.29 2900 0.19 2.3 70 30 2 160 2 13 0.01 10.0 165 0.01
KL30-09 268.8 271 0.458 4580 0.28 3.7 37 18 2 86 3 20 0.01 17.5 164 0.01
KL30-09 271 274 0.404 4040 0.23 3 65 30 1 84 1 16 0.01 10.3 106 0.01
KL30-09 274 277 0.28 2800 0.2 1.9 68 33 2 213 1 10 0.01 16.8 53 0.01
KL30-09 277 280 0.39 3900 0.23 2.7 62 52 1 94 2 23 0.2 12.6 214 0.01
KL30-09 280 283 0.461 4610 0.28 2.9 93 72 2 123 2 24 0.2 17.5 181 0.01
KL30-09 283 286 0.25 2500 0.13 1.2 44 33 2 181 1 11 0.01 8.5 58 0.01
KL30-09 286 289 0.92 9200 0.71 7.3 110 56 12 350 5 16 0.3 18.0 139 0.01
KL30-09 289 292 0.69 6900 0.72 5.2 89 69 13 22 6 13 0.5 23.0 103 0.01
KL30-09 292 293.5 1.02 10200 0.68 7.2 232 191 40 203 7 18 0.3 17.3 150 0.01
KL30-09 293.5 296.5 0.148 1480 0.02 1.7 28 7 2 136 0.01 7 0.01 4.5 66 0.01
KL30-09 296.5 299.5 1.77 17700 0.7 5.7 184 21 48 114 5 20 0.7 18.0 151 0.01
KL30-09 299.5 302.5 1.01 10100 0.51 4.8 93 11 44 60 4 17 0.5 29.0 103 0.01
KL30-09 302.5 305.5 0.65 6500 0.37 3 92 12 15 114 3 22 0.3 26.0 162 0.01
KL30-09 305.5 308.5 0.403 4030 0.21 1.6 87 7 10 52 2 44 0.3 31.3 102 0.01
KL30-09 308.5 310.6 0.96 9600 0.56 3.1 93 8 5 121 1 68 0.01 18.3 113 0.01
KL30-09 310.6 313 0.13 1300 0.03 0.9 77 9 2 312 1 6 0.01 5.0 48 0.01
KL30-09 313 314.5 0.235 2350 0.06 1.1 121 7 3 205 1 8 0.01 3.8 71 0.01
KL30-09 314.5 317.5 1.67 16700 0.76 2.9 78 8 0.01 15 1 26 0.3 10.5 45 0.01
KL30-09 317.5 320.5 2.38 23800 1.21 4 91 6 1 125 1 30 0.2 19.5 49 0.01
KL30-09 320.5 321.5 3.01 30100 1.86 5.8 56 12 0.01 362 3 26 0.01 26.5 155 0.01
KL30-09 321.5 323.4 0.296 2960 0.06 1.2 66 9 1 226 1 6 0.01 7.2 166 0.01



Appendix V - 198 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-09 323.4 325 0.21 2100 0.09 0.7 144 15 2 209 1 6 0.01 5.3 70 0.01
KL30-09 325 328 0.23 2300 0.12 0.9 80 18 6 188 1 4 0.7 9.1 138 0.01
KL30-09 328 329.5 0.349 3490 0.09 1 54 20 0.01 1090 1 13 0.01 7.0 235 0.01
KL30-09 329.5 332.5 0.26 2600 0.11 1.6 62 6 2 382 0.01 12 0.01 5.0 177 0.01
KL30-09 332.5 334.3 0.405 4050 0.11 1.6 66 17 1 1530 1 8 0.01 5.0 57 0.01
KL30-09 334.3 337 1.58 15800 1.01 4.7 190 22 3 450 3 53 0.9 18.5 76 0.01
KL30-09 337 338.5 0.91 9100 0.86 2.9 560 9 4 10 3 32 0.01 62.0 69 0.01
KL30-09 338.5 341.5 0.65 6500 0.6 2.2 500 11 15 28 7 21 0.3 57.0 88 0.01
KL30-09 341.5 344.5 0.53 5300 0.49 2.1 5750 10 37 17 31 27 0.7 61.0 44 0.01
KL30-09 344.5 347.5 1.53 15300 1.4 4.9 510 19 6 47 4 55 0.9 24.3 61 0.01
KL30-09 347.5 350 1.96 19600 1.63 4.5 700 16 2 104 2 45 0.9 20.0 43 0.01
KL30-09 350 351.6 1.54 15400 0.83 3.8 304 19 2 490 2 27 1.5 9.5 32 0.01
KL30-09 351.6 354.2 1.02 10200 0.47 3.8 290 43 9 630 2 20 0.5 14.0 64 0.01
KL30-09 354.2 356.5 1.49 14900 0.27 3.6 3810 27 1 255 2 19 0.6 11.5 47 0.01
KL30-09 356.5 359.5 2.83 28300 0.37 5.8 1950 17 1 23 2 28 1 13.0 38 0.01
KL30-09 359.5 362.5 3.4 34000 0.36 5 760 15 2 34 2 21 3.2 5.0 34 0.01
KL30-09 362.5 364 2.95 29500 0.34 4.6 406 15 2 30 1 30 1.1 8.0 30 0.01
KL30-09 364 366 1.92 19200 0.52 4.1 590 20 2 18 1 28 0.6 9.0 30 0.01
KL30-09 366 368 1.52 15200 0.75 4.3 374 32 6 490 1 26 0.6 13.0 42 0.01
KL30-09 368 370 0.72 7200 0.65 3.3 99 41 4 213 1 17 0.4 8.8 128 0.01
KL30-09 370 373 0.483 4830 0.33 2.5 100 30 5 350 2 21 0.3 8.0 229 0.01
KL30-09 373 376 0.467 4670 0.32 3.9 233 34 2 345 3 38 0.8 10.4 272 0.01
KL30-09 376 377.4 1.34 13400 1.45 8 238 31 19 1410 4 60 0.7 17.0 81 0.01
KL30-09 377.4 379 0.398 3980 0.24 1.5 560 21 8 290 1 57 0.7 11.0 42 0.01
KL30-09 379 382 1.32 13200 1.48 4.9 320 42 10 272 1 55 0.5 18.0 101 0.01
KL30-09 382 385 0.89 8900 0.88 3.3 226 36 8 342 2 36 0.9 10.3 87 0.01
KL30-09 385 388 0.52 5200 0.29 2.4 105 18 13 386 0.01 32 1 7.0 75 0.01
KL30-09 388 391 0.505 5050 0.52 3.1 91 18 25 450 3 37 0.7 5.0 46 0.01
KL30-09 391 394 0.95 9500 0.56 4.7 401 51 27 1360 4 67 0.6 17.5 98 0.01
KL30-09 394 397 0.353 3530 0.32 1.4 3460 51 30 115 3 51 7 16.5 23 0.01
KL30-09 397 400 1.53 15300 0.8 10.4 1120 30 5 11 9 8 0.6 67.0 50 0.01
KL30-09 400 403 0.26 2600 0.32 2.9 84 22 45 8 3 9 0.4 4.5 76 0.01
KL30-09 403 406 0.128 1280 0.27 1.9 62 16 10 36 3 8 0.2 4.0 70 0.01
KL30-09 406 409 0.395 3950 0.31 3.4 2280 36 25 10 3 19 4.1 8.0 30 0.01
KL30-09 409 412 0.41 4100 0.24 1.6 9200 17 34 7 1 51 2.4 12.0 18 0.01
KL30-09 412 415 0.214 2140 0.23 1.4 620 28 46 14 6 9 1.7 13.0 33 0.01
KL30-09 415 418 0.416 4160 0.63 3.2 490 32 35 48 85 13 1.4 16.0 22 0.01
KL30-09 418 421 0.475 4750 0.42 3.3 720 31 33 7 6 28 1 13.5 49 0.01
KL30-09 421 424 0.082 820 0.08 1.1 650 63 14 9 1 5 0.6 2.2 22 0.01
KL30-09 424 427 0.267 2670 0.25 2.8 3760 69 24 4 10 5 0.6 18.3 19 0.01
KL30-09 427 430 0.63 6300 0.57 8 14000 66 24 9 29 7 1 30.5 35 0.01
KL30-09 430 433 0.59 5900 0.46 6.6 3560 36 16 25 30 9 0.6 25.2 30 0.01
KL30-09 433 434.5 0.095 950 0.15 1.2 103 18 17 177 3 17 0.2 12.0 117 0.01
KL30-09 434.5 437.5 1.05 10500 0.64 4.6 570 16 5 24 5 9 0.3 75.0 99 0.01
KL30-09 437.5 440.5 1.52 15200 0.62 2.7 1360 29 9 22 5 42 3.3 16.0 65 0.01
KL30-09 440.5 443.5 2.38 23800 1.16 5 670 35 9 152 6 58 3 24.0 52 0.01
KL30-09 443.5 446.5 2.04 20400 1 3.4 311 13 1 250 2 48 0.4 20.0 27 0.01
KL30-09 446.5 449.5 1.02 10200 0.36 1.6 180 10 2 133 1 35 0.7 10.5 16 0.01
KL30-09 449.5 452.5 0.86 8600 0.27 1.7 5180 11 3 42 1 43 0.3 13.3 26 0.01
KL30-09 452.5 455.5 1.93 19300 0.45 3 236 10 2 26 3 39 0.5 30.0 23 0.01
KL30-09 455.5 458.5 1.6 16000 0.62 3.6 133 10 5 74 1 22 0.4 18.0 35 0.01
KL30-09 458.5 461.5 1.45 14500 0.98 2.8 165 9 2 47 1 18 0.4 16.0 36 0.01
KL30-09 461.5 464.5 1.33 13300 0.66 2.7 122 9 1 58 1 11 0.01 14.0 25 0.01
KL30-09 464.5 466.3 0.381 3810 0.23 0.7 34 8 1 32 0.01 8 0.01 7.3 103 0.01
KL30-09 466.3 468.1 0.409 4090 0.31 1.4 43 7 1 51 0.01 9 0.01 4.8 141 0.01
KL30-09 468.1 470.5 0.436 4360 0.38 1.3 53 8 1 73 0.01 10 0.01 5.0 90 0.01
KL30-09 470.5 473.5 0.2 2000 0.19 0.9 36 6 1 30 0.01 5 0.01 3.0 108 0.01
KL30-09 473.5 476.5 0.438 4380 0.37 1.7 54 7 2 39 1 8 0.01 6.0 97 0.01
KL30-09 476.5 479.5 0.46 4600 0.29 1.2 40 6 1 52 0.01 8 0.01 4.9 142 0.01
KL30-09 479.5 482.5 0.424 4240 0.29 1.2 41 6 1 63 0.01 10 0.01 4.5 120 0.01
KL30-09 482.5 485.5 1.56 15600 2.58 3.8 126 30 2 11 0.01 14 0.01 7.0 278 0.01
KL30-09 485.5 488.5 0.379 3790 0.22 0.8 34 7 1 60 0.01 7 0.01 6.3 96 0.01
KL30-09 488.5 491.5 0.46 4600 0.34 1 27 6 0.01 74 0.01 8 0.2 5.5 120 0.01



Appendix V - 199 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL30-09 491.5 494.5 0.367 3670 0.27 1 60 15 2 82 2 8 0.2 6.9 102 0.01
KL30-09 494.5 497.5 0.423 4230 0.28 1 25 7 2 62 1 5 0.01 5.5 80 0.01
KL30-09 497.5 500.5 0.354 3540 0.28 0.1 21 7 2 42 1 5 0.2 6.3 98 0.01
KL30-09 500.5 503.5 0.423 4230 0.28 1 25 7 2 62 1 5 0.01 5.5 80 0.01
KL30-09 503.5 506.5 0.367 3670 0.27 1 60 15 2 82 2 8 0.2 6.9 102 0.01
KL30-09 506.5 509.5 0.46 4600 0.34 1 27 6 0.01 74 0.01 8 0.2 5.5 120 0.01
KL30-09 509.5 512.5 0.379 3790 0.22 0.8 34 7 1 60 0.01 7 0.01 6.3 96 0.01
KL30-09 512.5 515.5 0.424 4240 0.29 1.2 41 6 1 63 0.01 10 0.01 4.5 120 0.01
KL30-09 515.5 518.5 0.46 4600 0.29 1.2 40 6 1 52 0.01 8 0.01 4.9 142 0.01
KL30-09 518.5 521.5 0.438 4380 0.37 1.7 54 7 2 39 1 8 0.01 6.0 97 0.01
KL30-09 521.5 524.5 0.2 2000 0.19 0.9 36 6 1 30 0.01 5 0.01 3.0 108 0.01
KL30-09 524.5 527.5 0.436 4360 0.38 1.3 53 8 1 73 0.01 10 0.01 5.0 90 0.01
KL30-09 527.5 530.5 0.409 4090 0.31 1.4 43 7 1 51 0.01 9 0.01 4.8 141 0.01
KL30-09 530.5 533.5 0.381 3810 0.23 0.7 34 8 1 32 0.01 8 0.01 7.3 103 0.01
KL30-09 533.5 536.5 0.385 3850 0.29 1 44 8 1 33 0.01 8 0.01 5.5 102 0.01
KL30-09 536.5 539.5 0.26 2600 0.3 0.1 38 8 1 21 0.01 8 0.2 3.5 115 0.01
KL30-09 539.5 542.5 0.413 4130 0.45 1 48 7 1 36 1 8 0.01 3.3 116 0.01
KL30-09 542.5 545.5 0.25 2500 0.33 0.8 32 9 3 22 1 5 0.01 3.5 88 0.01
KL30-09 545.5 548.5 0.348 3480 0.32 0.8 34 10 2 37 0.01 7 0.01 4.0 109 0.01
KL30-09 548.5 551.5 0.26 2600 0.25 1 52 12 1 22 1 8 0.01 6.0 129 0.01
KL30-09 551.5 553.5 0.57 5700 0.38 1.8 58 11 2 40 2 11 0.01 6.4 114 0.01
KL30-09 553.5 555.5 0.83 8300 0.8 2.6 69 14 2 28 4 13 0.3 10.5 71 0.01
KL30-09 555.5 557.5 0.55 5500 0.25 1.2 39 10 1 17 0.01 9 0.01 7.1 56 0.01
KL32-01 0 3 0.0062 62 0.05 0.8 334 89 8 10 0.01 0.01 0.8 1.0 20 0.01
KL32-01 3 6 0.0027 27 0.04 0.01 158 66 5 3 0.01 0.01 0.9 0.0 24 0.01
KL32-01 6 9 0.0009 9 0.03 0.5 162 68 6 3 0.01 0.01 1 0.8 43 0.1
KL32-01 9 11.5 0.0014 14 0.05 0.01 200 61 5 3 0.01 0.01 1.9 1.0 29 0.01
KL32-01 11.5 14.6 0.0018 18 0.01 0.01 146 39 7 0.01 0.01 0.01 0.2 0.8 24 0.01
KL32-01 14.6 18 0.0017 17 0.02 0.01 203 40 8 3 0.01 0.01 1 0.8 16 0.01
KL32-01 18 21.4 0.0032 32 0.05 0.01 162 39 11 5 0.01 0.01 0.4 1.5 18 0.01
KL32-01 21.4 24 0.0023 23 0.03 1.8 226 146 7 2 0.01 0.01 0.5 1.0 14 0.01
KL32-01 24 27 0.0024 24 0.02 0.7 115 44 10 2 0.01 0.01 0.5 1.8 22 0.01
KL32-01 27 30 0.0011 11 0.04 0.01 87 34 12 4 0.01 0.01 0.01 1.3 22 0.1
KL32-01 30 33 0.0013 13 0.01 1.6 158 51 13 2 0.01 0.01 0.6 1.0 21 0.1
KL32-01 33 36 0.071 710 0.04 284 29200 22400 320 6 0.01 0.01 52 118.0 26 0.46
KL32-01 36 39 0.0022 22 0.01 2 215 139 13 3 0.01 0.01 0.8 2.3 19 0.2
KL32-01 39 42 0.001 10 0.02 0.01 56 63 7 6 0.01 0.01 0.5 0.9 21 0.1
KL32-01 42 45 0.001 10 0.03 0.8 187 390 21 3 0.01 0.01 0.7 0.8 21 0.01
KL32-01 45 48 0.0008 8 0.04 0.7 163 312 10 4 0.01 0.01 0.7 1.0 18 0.01
KL32-01 48 51 0.0021 21 0.05 1.3 404 356 15 3 0.01 0.01 0.8 2.5 20 0.1
KL32-01 51 54 0.0028 28 0.1 4.5 3500 1930 26 13 1 0.01 3.7 6.6 23 0.22
KL32-01 54 57 0.0018 18 0.06 0.7 94 920 40 16 0.01 0.01 1.1 1.3 26 0.01
KL32-01 57 60 0.0012 12 0.03 1.3 208 1020 38 5 2 0.01 1.9 6.5 22 0.01
KL32-01 60 63 0.0028 28 0.07 0.8 231 840 42 5 0.01 0.01 1.1 1.5 24 0.01
KL32-01 63 66 0.3 3000 0.14 6.9 25700 1680 120 3 8 6 3.5 36.5 47 0.28
KL32-01 66 69 0.0023 23 0.45 1.6 146 396 30 4 0.01 0.01 1.4 2.5 16 0.24
KL32-01 69 72 0.0036 36 0.37 1.8 890 1200 30 6 1 0.01 3.7 16.6 27 0.18
KL32-01 72 75 0.0015 15 0.07 0.01 142 312 28 4 0.01 0.01 2 1.5 28 0.01
KL32-01 75 78 0.0014 14 0.14 0.7 237 251 20 0.01 0.01 0.01 1.4 2.5 21 0.18
KL32-01 78 81 0.0086 86 0.1 0.01 67 93 12 6 0.01 0.01 2.1 1.5 29 0.01
KL32-01 81 84 0.0013 13 0.04 0.01 57 47 13 2 0.01 0.01 1.9 0.8 24 0.01
KL32-01 84 87 0.0011 11 0.02 0.01 41 58 11 2 0.01 0.01 0.5 0.7 35 0.01
KL32-01 87 90 0.0009 9 0.02 0.01 75 129 19 0.01 0.01 0.01 0.8 1.3 29 0.01
KL32-01 90 93 0.0011 11 0.01 0.01 87 33 11 4 0.01 0.01 0.6 1.5 26 0.01
KL32-01 93 96 0.0005 5 0.01 0.01 101 42 11 2 0.01 0.01 0.5 1.0 23 0.01
KL32-01 96 99 0.0008 8 0.01 0.01 60 30 9 2 0.01 0.01 0.5 0.0 28 0.01
KL32-01 99 102 0.001 10 0.01 0.01 97 44 8 0.01 0.01 0.01 0.3 0.6 50 0.21
KL32-01 102 105.7 0.0018 18 0.01 0.01 75 47 13 2 0.01 0.01 0.6 1.2 64 0.12
KL32-01 105.7 108 0.0065 65 0.28 6.3 3100 1490 46 3 1 5 7 7.6 35 0.27
KL32-01 108 110.3 0.0145 145 0.12 14.5 11200 6300 33 5 2 0.01 23 19.5 13 0.01
KL32-01 110.3 111.8 0.0108 108 0.23 17.6 9600 4840 46 7 0.01 0.01 21 13.2 13 0.29
KL32-01 111.8 113.35 0.069 690 0.24 69 14400 13200 260 9 0.01 0.01 88 26.5 18 0.42
KL32-01 113.35 115.5 0.0082 82 0.48 17.5 2700 5170 85 24 20 2 23 19.5 238 0.2



Appendix V - 200 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-01 115.5 118 0.0032 32 0.18 4 910 800 13 3 0.01 2 4.6 1.2 182 0.12
KL32-01 118 121.5 0.0044 44 0.92 4.4 850 870 86 14 0.01 0.01 11.2 7.0 224 0.26
KL32-01 121.5 124.5 0.0116 116 0.07 2.6 1190 2350 34 9 1 0.01 7.4 2.5 169 0.22
KL32-01 124.5 127.5 0.01 100 0.03 52 1520 48800 33 6 11 0.01 55 11.6 260 0.17
KL32-01 127.5 130.5 0.0052 52 0.04 2.3 1760 920 17 9 2 0.01 3.7 2.0 279 0.22
KL32-01 130.5 132.5 0.0012 12 0.03 0.9 362 328 9 7 0.01 0.01 2.2 0.6 182 0.1
KL32-01 132.5 135 0.0019 19 0.31 2.1 670 750 45 11 3 0.01 5.3 2.8 220 0.15
KL32-01 135 136.9 0.0021 21 0.03 1.1 169 520 10 7 3 3 3 1.0 225 0.1
KL32-01 136.9 139.9 0.001 10 0.25 0.8 273 135 60 9 2 0.01 6.5 1.5 163 0.1
KL32-01 139.9 142.5 0.0018 18 0.13 0.6 166 69 54 5 3 0.01 4.6 2.3 110 0.01
KL32-01 142.5 145.5 0.0061 61 0.45 1.2 328 104 120 8 2 0.01 5.1 3.3 114 0.1
KL32-01 145.5 149 0.0244 244 0.66 1.1 237 131 180 12 2 0.01 3.7 2.5 136 0.1
KL32-01 149 152 0.009 90 0.54 1.4 520 156 120 18 9 0.01 5.3 4.8 152 0.1
KL32-01 152 155 0.017 170 0.74 3.3 1400 1000 160 15 22 0.01 12.9 9.6 112 0.17
KL32-01 155 158 0.0101 101 0.46 2.9 980 670 240 67 8 0.01 11.3 7.0 182 0.21
KL32-01 158 161.7 0.05 500 0.42 3.3 510 243 290 23 5 0.01 21 5.0 70 0.12
KL32-01 161.7 163.5 0.0035 35 0.19 1.3 400 230 37 13 3 0.01 4.1 3.8 41 0.1
KL32-01 163.5 166.5 0.0053 53 0.18 1.1 413 280 22 12 2 0.01 2.5 5.0 20 0.1
KL32-01 166.5 169.5 0.0015 15 0.11 0.01 237 259 19 12 0.01 0.01 2.7 3.8 21 0.01
KL32-01 169.5 172.5 0.0031 31 0.09 1.3 410 300 8 45 3 0.01 1.2 4.3 22 0.01
KL32-01 172.5 175.5 0.0038 38 0.22 3.9 1320 1210 37 44 14 0.01 6 5.7 27 0.01
KL32-01 175.5 178.3 0.0014 14 0.08 1.1 354 142 6 6 3 0.01 1.9 3.3 17 0.01
KL32-01 178.3 181.5 0.0056 56 0.11 1.8 960 325 30 21 5 0.01 4.9 6.8 24 0.1
KL32-01 181.5 184.5 0.0035 35 0.17 2.4 1160 640 21 10 6 0.01 1.9 4.3 19 0.16
KL32-01 184.5 187.5 0.0025 25 0.18 3.1 5200 3130 20 114 7 0.01 1.9 3.5 20 0.24
KL32-01 187.5 190.7 0.0022 22 0.05 1.7 430 309 8 17 4 0.01 1.2 2.5 25 0.01
KL32-01 190.7 193.5 0.001 10 0.07 0.5 213 121 8 13 3 0.01 0.6 2.5 31 0.01
KL32-01 193.5 196.5 0.0095 95 0.35 19.3 410 2140 60 29 80 0.01 7 17.0 22 0.1
KL32-01 196.5 199.2 0.007 70 0.13 1.7 800 225 30 51 6 0.01 3.6 4.5 20 0.1
KL32-01 199.2 202.5 0.0185 185 0.36 7.8 2800 1630 82 254 28 0.01 34 14.8 25 0.13
KL32-01 202.5 204 0.052 520 0.44 9.7 6200 1560 160 185 33 0.01 119 16.0 26 0.25
KL32-01 204 207 0.014 140 0.63 7.8 3100 1680 140 84 16 0.01 19.6 24.0 32 0.34
KL32-01 207 210 0.0332 332 0.15 3 1990 1570 85 66 6 0.01 9.4 5.5 20 0.13
KL32-01 210 213 0.0209 209 0.15 2 2110 770 53 151 6 0.01 10.9 5.3 28 0.14
KL32-01 213 216 0.076 760 0.28 10 6400 3940 180 77 16 0.01 35 12.0 16 0.3
KL32-01 216 219 0.321 3210 0.48 16.7 5400 3420 1050 54 25 0.01 135 13.3 16 0.3
KL32-01 219 222 0.151 1510 0.4 15.7 8200 5100 500 80 19 0.01 71 12.3 17 0.37
KL32-01 222 225 0.0345 345 0.31 10.5 7500 4100 130 163 9 0.01 17 9.0 19 0.31
KL32-01 225 228 0.0302 302 0.35 13 12600 6000 100 58 10 0.01 9.4 7.5 12 0.47
KL32-01 228 231 0.239 2390 0.22 22.7 23000 15600 40 75 13 0.01 7.1 15.5 17 0.25
KL32-01 231 233.85 11 110000 0.86 148 25900 16100 5330 22 190 0.01 126 25.0 247 0.56
KL32-01 233.85 236.7 3.14 31400 1.21 99 37000 29000 450 68 126 2 24 31.0 155 0.25
KL32-01 236.7 239.5 0.391 3910 0.79 53 42300 25300 310 162 57 0.01 16.7 44.0 54 0.17
KL32-01 239.5 242.5 0.112 1120 0.35 28 16800 9200 49 265 63 0.01 6.5 46.0 37 0.01
KL32-01 242.5 245.4 1.49 14900 1.03 75 40200 24000 810 720 288 8 34 50.8 106 0.23
KL32-01 245.4 246.9 0.38 3800 1.99 18 6400 3800 500 99 106 3 11 57.0 341 0.1
KL32-01 246.9 249.5 0.505 5050 1.33 10.7 3500 3020 300 34 92 19 13.1 31.3 248 0.11
KL32-01 249.5 252.5 1.87 18700 1.39 12.7 2720 630 210 76 24 53 11.6 39.0 302 0.1
KL32-01 252.5 255.5 2.14 21400 1.52 13.3 1470 700 170 75 43 71 19.1 22.0 269 0.11
KL32-01 255.5 258.5 2.02 20200 1.33 9.1 690 520 160 61 29 143 6 38.8 203 0.01
KL32-01 258.5 261.5 4.08 40800 1.08 23.4 1530 410 430 132 7 180 30 50.0 313 0.01
KL32-01 261.5 264.5 3.59 35900 0.96 18.1 1770 450 250 119 8 88 41 41.0 337 0.11
KL32-01 264.5 267.5 1.21 12100 0.92 16.1 880 770 320 133 66 130 58 59.2 364 0.13
KL32-01 267.5 270.5 0.63 6300 0.61 6.3 550 321 210 17 15 192 68 56.5 339 0.1
KL32-01 270.5 273.5 0.62 6200 1.68 11.5 1900 314 220 35 172 68 24 52.0 298 0.1
KL32-01 273.5 276.5 0.355 3550 1.59 3.6 228 183 240 17 49 51 23 45.0 356 0.01
KL32-01 276.5 278.2 1.06 10600 4.77 21.3 4570 1580 540 28 206 18 9.7 41.0 246 0.16
KL32-01 278.2 279.5 0.55 5500 10.5 48 26900 7800 1080 379 98 34 61 59.0 148 0.5
KL32-01 279.5 282.5 0.272 2720 3.65 25.1 25300 12900 550 390 60 16 25 69.5 71 1.12
KL32-01 282.5 284 0.244 2440 3.49 24.5 44600 20200 530 440 74 13 28 87.0 69 0.4
KL32-01 284 287 0.347 3470 1.53 17.4 14400 12800 380 600 16 20 42 29.0 39 0.42
KL32-01 287 289 0.351 3510 1.71 31.4 34000 33400 410 910 26 33 68 64.5 44 0.51
KL32-01 289 292 0.166 1660 1.63 29.9 18100 26700 210 1120 46 14 46 69.3 31 0.24



Appendix V - 201 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-01 292 297 0.0375 375 0.38 5.5 1840 1690 40 89 12 3 5.6 7.0 28 0.01
KL32-01 297 300 0.042 420 0.16 7.8 4600 9200 39 52 11 2 6.6 15.0 21 0.01
KL32-01 300 304.5 0.059 590 0.62 5.9 5400 3850 44 105 12 5 6.6 8.0 28 0.12
KL32-01 304.5 313.5 0.122 1220 0.4 7.2 3600 2140 190 84 3 22 28 13.3 26 0.1
KL32-01 313.5 315.8 0.46 4600 0.15 0.9 58 28 1 38 0.01 17 0.01 3.0 25 0.01
KL32-02 0 3 0.0019 19 0.18 2.1 1750 950 26 0.01 0.01 0.01 11.1 3.3 43 0.28
KL32-02 3 6 0.0025 25 0.06 0.7 780 283 11 2 0.01 0.01 4.3 2.2 40 0.11
KL32-02 6 9 0.0023 23 0.04 0.8 295 124 10 2 0.01 0.01 2.3 1.7 21 0.01
KL32-02 9 12 0.004 40 0.07 0.5 362 110 12 3 0.01 0.01 0.9 1.6 16 0.01
KL32-02 12 15 0.0013 13 0.06 0.01 182 37 10 2 0.01 0.01 0.8 1.8 15 0.01
KL32-02 15 18 0.0016 16 0.02 0.01 86 34 19 3 0.01 0.01 0.4 1.2 20 0.01
KL32-02 18 21 0.0017 17 0.01 2.5 231 135 8 4 0.01 0.01 0.9 3.0 16 0.01
KL32-02 21 24 0.0018 18 0.01 2 302 176 16 3 0.01 0.01 1 3.3 19 0.01
KL32-02 24 27 0.0013 13 0.01 0.01 145 274 13 3 0.01 0.01 0.5 1.0 21 0.01
KL32-02 27 30 0.0026 26 0.01 0.9 560 840 21 3 0.01 0.01 1.8 2.9 19 0.01
KL32-02 30 33 0.003 30 0.1 4 460 1830 28 21 6 0.01 3.6 5.7 22 0.01
KL32-02 33 36 0.0098 98 0.07 1 130 500 26 8 2 0.01 1.2 2.5 20 0.01
KL32-02 36 39 0.0021 21 0.24 1.1 165 395 31 4 2 0.01 1.2 1.6 19 0.01
KL32-02 39 42 0.0083 83 0.4 3.3 366 940 91 6 6 0.01 2.4 3.1 30 0.16
KL32-02 42 45 0.044 440 0.48 35 13800 7300 140 22 72 0.01 9.7 31.0 47 0.38
KL32-02 45 48 0.0018 18 0.2 0.01 125 100 18 2 0.01 0.01 0.2 1.4 22 0.01
KL32-02 48 51 0.0012 12 0.46 0.6 129 104 18 2 0.01 0.01 0.9 2.5 24 0.01
KL32-02 51 54 0.0016 16 0.48 0.7 270 176 120 2 0.01 0.01 1.1 2.2 25 0.1
KL32-02 54 57 0.0018 18 0.17 0.01 200 50 11 2 0.01 0.01 0.7 1.4 19 0.01
KL32-02 57 60 0.0008 8 0.29 0.01 49 26 12 0.01 0.01 0.01 0.01 1.2 30 0.01
KL32-02 60 63 0.0019 19 0.01 0.01 40 25 7 0.01 0.01 0.01 0.01 1.0 36 0.01
KL32-02 63 66 0.0013 13 0.01 0.01 65 31 5 0.01 0.01 0.01 0.01 1.4 28 0.01
KL32-02 66 69 0.0009 9 0.02 0.01 93 50 12 0.01 0.01 0.01 0.01 0.9 41 0.01
KL32-02 69 72 0.0051 51 0.01 0.01 77 45 7 0.01 0.01 0.01 0.01 0.9 44 0.01
KL32-02 72 75 1.28 12800 0.85 2.5 55 30 2 470 0.01 3 0.01 9.0 119 0.01
KL32-02 75 78 0.0022 22 0.03 0.01 72 40 20 2 0.01 0.01 1 1.5 106 0.01
KL32-02 78 79.5 0.047 470 0.12 4.4 2140 2400 30 13 4 0.01 12.6 9.6 23 0.14
KL32-02 79.5 81 0.0135 135 0.02 0.7 156 113 26 3 2 6 2.1 4.0 81 0.01
KL32-02 81 84 0.0385 385 0.86 41 13900 24600 200 5 32 4 33 62.5 78 0.35
KL32-02 84 87 0.044 440 0.19 9.7 8000 4500 110 14 15 0.01 28 12.5 17 0.31
KL32-02 87 90 0.045 450 0.31 57 5700 7900 120 8 110 0.01 8.3 26.0 49 0.29
KL32-02 90 93 0.148 1480 0.25 30.1 14000 8800 110 12 60 0.01 13.3 28.2 57 0.45
KL32-02 93 95.5 0.049 490 0.22 19.6 6500 7400 150 16 39 0.01 16.8 16.2 73 0.21
KL32-02 95.5 99 0.0397 397 0.11 15 885 3200 120 11 31 2 6.2 10.7 54 0.01
KL32-02 99 101.8 0.0393 393 0.06 8.2 940 3900 100 7 16 2 6.6 8.8 78 0.14
KL32-02 101.8 103 0.113 1130 0.15 27 3440 2300 380 8 191 11 34 77.0 45 0.22
KL32-02 103 105 0.0245 245 0.08 4.5 1300 1250 24 11 9 0.01 3.7 5.0 24 0.01
KL32-02 105 107.5 0.017 170 0.03 2 361 220 16 13 4 0.01 1.4 1.2 39 0.01
KL32-02 107.5 109.5 0.0119 119 0.01 0.5 179 162 22 10 3 0.01 3.4 0.7 151 0.01
KL32-02 109.5 112.5 0.045 450 0.15 5.4 2100 1340 140 25 12 3 23 7.2 17 0.01
KL32-02 112.5 115.5 0.0136 136 0.03 0.5 148 113 46 9 8 0.01 4 1.8 20 0.01
KL32-02 115.5 118.5 0.0063 63 0.04 0.01 217 114 42 4 3 0.01 3.6 1.0 83 0.01
KL32-02 118.5 121.5 0.0241 241 0.33 2.5 1270 500 110 13 6 2 6.8 3.1 38 0.19
KL32-02 121.5 123 0.0057 57 0.16 0.8 430 385 67 7 2 0.01 5.7 3.2 19 0.01
KL32-02 123 126 1.98 19800 1.1 8.4 1940 52 36 6 7 30 0.4 6.0 24 0.01
KL32-02 126 129.45 0.0118 118 0.15 3.3 1700 1040 34 20 4 0.01 6.2 5.4 17 0.01
KL32-02 129.45 132 0.0044 44 0.18 2.6 1180 480 25 5 7 3 8.5 9.8 33 0.01
KL32-02 132 135 0.02 200 0.07 2.1 1130 1610 7 7 2 0.01 4.6 3.9 21 0.01
KL32-02 135 138 0.0184 184 0.06 1.3 520 820 9 5 1 0.01 3.1 2.9 21 0.01
KL32-02 138 141 0.0144 144 0.05 1.4 1060 980 5 5 1 0.01 3.3 3.3 20 0.01
KL32-02 141 144.5 0.0194 194 0.06 1.1 342 255 8 5 2 0.01 1.7 1.9 22 0.01
KL32-02 144.5 147 0.0373 373 0.48 18.1 2730 2900 140 78 78 11 13.3 12.2 25 0.01
KL32-02 147 150.5 0.0053 53 0.05 0.6 366 377 5 5 1 2 1 2.2 21 0.01
KL32-02 150.5 153 0.044 440 0.11 4.6 1320 1350 38 12 18 2 7.2 5.0 24 0.01
KL32-02 153 156 0.057 570 0.58 25.9 3630 3800 160 96 110 14 15.2 18.9 22 0.01
KL32-02 156 158.5 0.0235 235 0.11 6.2 2810 2700 10 17 14 0.01 4.8 7.7 29 0.01
KL32-02 158.5 163 0.0192 192 0.12 6.1 5700 4600 21 21 5 0.01 7.1 9.7 31 0.01
KL32-02 163 166.5 0.0153 153 0.12 6.1 3500 2800 17 15 7 0.01 6.1 7.8 32 0.01



Appendix V - 202 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-02 166.5 169.5 0.0226 226 0.26 14.9 10400 6700 40 11 5 0.01 25 10.5 21 0.01
KL32-02 169.5 170.8 0.0192 192 0.29 18.5 11200 7000 43 8 2 0.01 32 7.7 22 0.01
KL32-02 170.8 172 0.0298 298 0.22 8.8 4470 2700 56 33 7 0.01 22 3.3 18 0.01
KL32-02 172 173.25 0.0367 367 0.18 6.9 1910 1550 29 26 3 0.01 14.7 2.9 18 0.01
KL32-02 173.25 176 0.069 690 0.15 9.7 3760 4400 33 27 7 0.01 14.1 3.0 17 0.01
KL32-02 176 180.5 0.0197 197 0.09 4.2 770 950 14 14 7 0.01 2.6 7.6 17 0.01
KL32-02 180.5 181.75 0.0132 132 0.11 4.5 1150 940 16 22 6 0.01 8.4 4.1 22 0.01
KL32-02 181.75 184.5 0.0136 136 0.09 5.4 1590 1240 20 26 7 0.01 7.8 4.8 21 0.01
KL32-02 184.5 187.5 0.0112 112 0.09 5.7 1740 1530 22 25 5 0.01 8.6 6.0 19 0.01
KL32-02 187.5 189.9 0.0324 324 0.09 4.6 2170 3500 28 13 3 0.01 8.8 5.1 15 0.01
KL32-02 189.9 192.3 0.043 430 0.35 5.2 3180 1230 130 55 6 8 24 8.9 13 0.01
KL32-02 192.3 193.5 0.0265 265 0.26 6.9 4390 3000 84 39 4 6 17.3 9.4 15 0.01
KL32-02 193.5 196 0.0354 354 0.14 11.4 5700 3700 63 73 13 0.01 32 5.2 14 0.01
KL32-02 196 199.5 0.082 820 0.49 18.8 8600 4800 270 44 20 0.01 99 10.3 23 0.44
KL32-02 199.5 202.5 0.075 750 0.34 9.4 6800 5050 170 21 18 0.01 42 7.6 19 0.6
KL32-02 202.5 205.5 0.59 5900 0.37 5.5 152 292 140 355 7 46 6.4 15.3 180 0.19
KL32-02 205.5 208.5 0.109 1090 0.33 11.3 4390 3000 360 31 11 2 104 6.7 19 0.4
KL32-02 208.5 210 0.09 900 0.29 7.4 3890 3900 300 20 11 3 74 7.8 21 0.57
KL32-02 210 213 0.084 840 0.76 5.1 1660 1650 120 20 16 0.01 32 7.4 22 0.36
KL32-02 213 216.4 0.193 1930 3.2 12.7 7800 10000 250 47 18 5 68 12.3 25 1.48
KL32-02 216.4 217.5 0.84 8400 7.05 16.1 5100 1640 840 30 160 22 36 11.8 165 5.42
KL32-02 217.5 219 0.87 8700 3.04 11.1 212 163 210 13 32 42 17.4 15.6 51 1.23
KL32-02 219 220.5 0.8 8000 1.54 9.9 148 190 280 59 16 59 11.3 66.0 118 0.54
KL32-02 220.5 223.5 1.99 19900 1.67 15.2 880 376 230 69 8 66 8 53.0 117 0.9
KL32-02 223.5 226.55 1.56 15600 0.77 10.5 520 340 160 31 7 65 4.5 38.0 51 0.72
KL32-02 226.55 228 1.75 17500 0.37 13.1 107 73 310 426 9 34 37 41.0 209 0.44
KL32-02 228 231 1.06 10600 0.23 6.4 56 50 100 2000 4 43 3.6 23.1 276 0.16
KL32-02 231 234 1.29 12900 0.81 1.5 42 60 28 165 0.01 4 2.4 7.0 204 0.01
KL32-02 234 237.5 1.77 17700 0.96 12.9 138 166 140 30 40 48 4.3 34.0 79 0.44
KL32-02 237.5 240 1.09 10900 0.24 7 73 58 84 155 6 72 12.3 30.8 330 0.18
KL32-02 240 243 1.61 16100 0.42 12.6 246 121 140 145 28 105 40 49.5 75 0.32
KL32-02 243 246 1.02 10200 0.46 10.3 104 57 210 231 26 200 10.7 26.3 82 0.2
KL32-02 246 249 2.15 21500 0.48 16.7 163 93 160 173 23 214 12.3 47.0 280 0.2
KL32-02 249 252 2.09 20900 0.92 11.6 246 159 170 143 8 196 9.1 43.1 210 0.32
KL32-02 252 255 1.03 10300 0.77 5.3 391 331 67 121 3 54 4 14.8 186 0.26
KL32-02 255 258.5 1.03 10300 0.63 6 158 151 340 28 10 47 28 28.0 298 0.12
KL32-02 258.5 261 0.314 3140 0.52 2.6 145 600 340 48 5 72 15.3 29.8 330 0.01
KL32-02 261 264 0.287 2870 0.56 1.7 40 38 450 38 3 53 84 23.8 332 0.01
KL32-02 264 267 1.91 19100 0.58 10 100 46 2900 69 5 83 94 23.0 260 0.01
KL32-02 267 268.5 2.67 26700 0.53 19.6 96 60 160 335 22 54 12.5 23.1 293 0.13
KL32-02 268.5 274 3.82 38200 2.42 14.8 430 186 160 81 3 111 8.4 331.3 145 0.5
KL32-02 274 277.5 2.25 22500 2.64 10.2 305 130 660 24 6 102 18.1 16.8 197 0.18
KL32-02 277.5 279.3 0.65 6500 1.84 19.1 175 84 510 46 10 127 13.2 10.4 180 0.32
KL32-02 279.3 281.6 2.42 24200 1.02 8.5 76 59 230 104 4 93 9.1 14.3 252 0.15
KL32-02 281.6 285 2.3 23000 0.79 11.8 47 42 150 1170 7 54 18.9 9.8 209 0.01
KL32-02 285 288 1.25 12500 0.5 6.6 42 44 240 307 3 40 10.1 11.0 237 0.01
KL32-02 288 290.2 0.53 5300 0.37 1.2 76 38 160 242 0.01 50 6.7 15.0 107 0.01
KL32-02 290.2 292.5 0.91 9100 0.84 3.2 84 37 350 146 3 112 10.5 32.0 98 0.01
KL32-02 292.5 295.5 1.56 15600 1.86 6.8 364 100 180 40 2 97 3.7 19.4 246 0.19
KL32-02 295.5 298.5 1.51 15100 1.84 5.7 2070 1370 130 26 3 117 4.3 23.0 218 0.1
KL32-02 298.5 301.5 2.15 21500 1.31 6.7 1670 1130 110 136 2 81 2.6 18.4 96 0.39
KL32-02 301.5 304.5 2.28 22800 1.6 9.5 249 134 430 40 3 87 14.1 31.4 256 0.32
KL32-02 304.5 307.5 3.45 34500 2.88 11.4 1280 600 180 19 1 101 5.5 32.6 60 0.94
KL32-02 307.5 310.5 1.65 16500 1.41 7 3200 990 160 34 3 131 5.6 53.0 213 0.58
KL32-02 310.5 313.5 1.76 17600 1.49 6.5 550 450 110 44 2 96 3.2 26.3 53 0.35
KL32-02 313.5 316.5 1.3 13000 0.84 7.7 8200 7200 120 97 6 91 7.3 41.3 216 0.4
KL32-02 316.5 319 0.63 6300 0.63 4.9 1630 1130 160 194 5 82 2.7 45.0 72 0.15
KL32-02 319 322.5 0.73 7300 0.79 4.7 247 75 1700 63 5 96 67 42.5 231 0.27
KL32-02 322.5 325.5 1.02 10200 0.63 3.8 115 37 440 22 4 53 8.4 35.0 280 0.16
KL32-02 325.5 328.5 1.43 14300 0.84 5.2 191 95 360 12 5 15 5.8 35.4 91 0.33
KL32-02 328.5 331.4 0.71 7100 1.43 3.1 415 570 300 8 52 16 4.2 50.4 239 0.19
KL32-02 331.4 333.75 1.1 11000 1.77 6.4 3900 2600 810 75 72 6 7.1 28.3 99 0.78
KL32-02 333.75 336 0.138 1380 0.97 8.5 8800 3700 180 190 56 7 6.9 25.8 102 0.21



Appendix V - 203 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-02 336 338 0.066 660 0.56 5.6 3190 2070 96 208 18 5 4.1 10.8 67 0.1
KL32-02 338 341 0.178 1780 0.73 6.4 5400 2070 160 138 21 7 3.4 12.0 65 0.14
KL32-02 341 344 0.025 250 0.29 1.4 840 313 61 38 4 2 1.2 5.5 35 0.01
KL32-02 344 347 0.0201 201 0.26 1.8 1040 460 29 23 3 0.01 1.4 6.3 40 0.12
KL32-02 347 350 0.0121 121 0.18 1.1 510 207 28 25 2 0.01 1.3 5.8 39 0.23
KL32-02 350 353 0.042 420 0.25 1.9 620 200 34 28 5 0.01 2.4 8.3 48 0.12
KL32-02 353 356 0.092 920 0.6 4.3 2250 1430 140 74 27 6 7.6 12.9 51 0.38
KL32-02 356 359 0.009 90 0.17 1.9 224 151 35 18 52 0.01 3.4 3.8 43 0.01
KL32-02 359 362 0.02 200 0.22 2.9 1500 1030 61 21 4 2 3.7 9.3 40 1.55
KL32-02 362 365 0.0149 149 0.16 1.4 1190 770 41 22 2 0.01 2.4 3.0 22 0.99
KL32-02 365 368 0.0208 208 0.34 0.8 470 246 62 13 2 3 6.7 3.9 28 0.43
KL32-02 368 371 0.0289 289 0.31 0.6 197 103 83 12 1 5 7.3 1.9 32 0.42
KL32-02 371 374 0.0386 386 0.22 0.7 147 90 64 13 4 6 6.3 2.2 22 0.3
KL32-02 374 377 0.074 740 0.39 1.3 760 134 93 31 4 8 5.6 4.3 50 1.46
KL32-02 377 380 0.1 1000 0.72 4.2 1860 1320 140 53 6 6 19.3 16.9 46 2.96
KL32-02 380 383 0.106 1060 1.12 10.8 3060 4500 150 62 8 6 60 28.0 39 8.78
KL32-02 383 386 0.0271 271 0.36 2.4 1950 470 79 20 4 3 12.4 9.5 29 0.42
KL32-02 386 389 0.083 830 1.26 32.2 1680 930 200 27 7 4 152 11.0 26 2.64
KL32-02 389 392 0.085 850 0.77 11 1430 900 130 23 9 3 56 8.9 28 1.55
KL32-02 392 395 0.22 2200 0.6 4.6 570 450 110 42 32 8 11.7 4.9 26 1.04
KL32-02 395 398 0.196 1960 1.21 12.7 2640 4300 170 48 25 6 73 13.5 27 3.95
KL32-02 398 401 0.062 620 0.42 7.8 5700 5400 110 37 9 3 17.1 5.6 27 2.82
KL32-02 401 404 0.197 1970 0.62 3.6 3000 2240 130 34 7 13 12.3 6.0 25 1.65
KL32-02 404 407 0.062 620 0.79 17.1 1030 600 170 25 4 2 91 5.4 21 1.86
KL32-02 407 410 0.0305 305 0.28 0.6 217 74 86 19 5 0.01 9.7 2.3 25 1.04
KL32-02 410 413 0.0176 176 0.13 0.01 146 42 120 7 1 3 2.8 1.3 27 0.4
KL32-02 413 416 0.0177 177 0.13 0.01 165 44 100 6 2 3 3 1.0 30 0.54
KL32-03 0 3 0.0025 25 0.05 1.3 690 1420 17 2 1 0.01 6.8 5.2 54 0.15
KL32-03 3 6 0.0024 24 0.02 0.5 500 274 17 2 0.01 0.01 2.6 2.7 26 0.01
KL32-03 6 9 0.0072 72 0.04 1.2 1890 650 17 6 1 0.01 2.1 5.7 47 0.01
KL32-03 9 12 0.0029 29 0.01 0.01 247 93 12 2 0.01 0.01 0.8 1.8 23 0.01
KL32-03 12 15 0.0025 25 0.01 0.01 120 45 11 3 0.01 0.01 0.8 1.3 20 0.01
KL32-03 15 18 0.0065 65 0.01 1.4 163 95 15 4 0.01 0.01 1 2.5 16 0.01
KL32-03 18 21 0.0061 61 0.01 1.2 340 268 11 3 0.01 0.01 1.2 4.5 20 0.01
KL32-03 21 24 0.0041 41 0.01 0.8 195 404 20 4 0.01 0.01 1.9 1.7 21 0.01
KL32-03 24 27 0.0152 152 0.02 10.8 3200 1950 50 33 36 0.01 6.1 12.8 25 0.12
KL32-03 27 30 0.0171 171 0.15 17.7 12200 3000 54 8 50 0.01 5.3 19.0 23 0.31
KL32-03 30 33 0.0141 141 0.06 5.6 1170 2250 30 10 10 2 3.5 8.3 21 0.01
KL32-03 33 36 0.0208 208 0.31 6 4000 1590 74 4 19 0.01 6.3 11.3 24 0.13
KL32-03 36 39 0.0063 63 0.08 0.7 420 450 29 7 1 0.01 1.5 2.5 23 0.01
KL32-03 39 42 0.0018 18 0.2 0.01 207 212 36 3 0.01 0.01 1.4 1.9 29 0.01
KL32-03 42 45 0.0024 24 0.15 0.01 197 273 70 0.01 0.01 0.01 1.1 1.4 22 0.01
KL32-03 45 48 0.0028 28 0.21 0.01 176 234 42 0.01 0.01 0.01 1.7 3.0 26 0.01
KL32-03 48 51 0.0043 43 0.16 0.01 52 46 16 0.01 0.01 0.01 0.7 1.6 24 0.01
KL32-03 51 54 0.0032 32 0.04 0.01 43 51 8 0.01 0.01 0.01 0.3 1.5 25 0.01
KL32-03 54 57 0.0025 25 0.01 0.01 78 98 11 0.01 7 0.01 0.5 2.5 22 0.01
KL32-03 57 60 0.0011 11 0.01 0.01 105 102 7 0.01 0.01 0.01 0.4 0.8 40 0.01
KL32-03 60 63 0.0016 16 0.02 0.01 154 95 24 0.01 0.01 3 0.7 0.9 45 0.01
KL32-03 63 64.5 0.003 30 0.13 1.7 800 880 40 0.01 2 3 2.8 4.1 26 0.01
KL32-03 64.5 67.5 0.0038 38 1.29 6.9 5400 1210 170 2 1 6 14.2 6.6 48 0.65
KL32-03 67.5 70.5 0.0074 74 1.06 7.8 8600 3400 170 2 1 0.01 21.8 10.2 12 0.53
KL32-03 70.5 72 0.0032 32 0.7 8.9 7400 4500 210 5 2 0.01 32 7.3 16 0.57
KL32-03 72 75 0.0022 22 0.08 0.8 680 344 14 3 0.01 0.01 1.4 1.4 20 0.01
KL32-03 75 76.4 0.0031 31 0.1 3.7 710 1160 30 4 7 0.01 5.9 4.5 51 0.11
KL32-03 76.4 78 0.0019 19 0.06 1.1 415 180 15 3 2 0.01 2.3 1.5 147 0.01
KL32-03 78 81 0.0032 32 0.07 9.9 550 2050 33 4 28 0.01 4.1 7.3 164 0.01
KL32-03 81 84 0.0026 26 0.02 4.5 214 610 47 11 13 0.01 3.4 2.1 67 0.01
KL32-03 84 87 0.0028 28 0.01 3.4 132 670 15 12 7 0.01 1.4 2.5 170 0.01
KL32-03 87 90 0.0053 53 0.03 4.6 900 2450 23 6 9 0.01 2.7 4.8 204 0.01
KL32-03 90 95.2 0.0206 206 0.06 5.5 8600 4200 66 7 7 0.01 8.3 3.0 178 0.14
KL32-03 95.2 98 0.0035 35 0.21 1.4 353 153 66 3 9 5 7.1 19.3 128 0.01
KL32-03 98 100.5 0.003 30 0.22 2 348 244 100 6 18 0.01 5.5 3.2 96 0.1
KL32-03 100.5 103.5 0.0095 95 0.09 2.1 680 392 100 8 40 0.01 9.6 4.3 65 0.01



Appendix V - 204 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-03 103.5 106.4 0.065 650 0.05 2.5 302 212 78 7 48 0.01 4.4 9.1 43 0.01
KL32-03 106.4 109.5 0.0039 39 0.01 0.5 167 185 12 5 2 0.01 1.5 1.5 29 0.01
KL32-03 109.5 112.5 0.0018 18 0.02 0.5 308 278 11 3 1 0.01 1 1.6 18 0.01
KL32-03 112.5 115 0.175 1750 0.55 17.2 53000 16500 190 62 36 6 26 94.0 70 0.25
KL32-03 115 118.5 0.002 20 0.03 0.6 413 196 7 5 2 0.01 0.4 1.7 20 0.01
KL32-03 118.5 121.5 0.0014 14 0.03 5.5 251 470 7 4 19 0.01 1 6.1 17 0.01
KL32-03 121.5 124.5 0.0021 21 0.02 1 820 800 10 6 0.01 0.01 1 2.9 11 0.01
KL32-03 124.5 127.2 0.0027 27 0.05 1.2 820 1220 9 5 0.01 0.01 2.5 4.4 21 0.01
KL32-03 127.2 130 0.001 10 0.02 0.01 152 163 4 3 0.01 0.01 0.6 1.5 18 0.01
KL32-03 130 133.5 0.0027 27 0.03 2.1 1940 1200 8 4 3 0.01 1.6 3.6 23 0.01
KL32-03 133.5 136.5 0.0126 126 0.03 13.6 3200 12600 19 4 16 0.01 9.2 8.9 26 0.15
KL32-03 136.5 139.5 0.0044 44 0.1 1.7 159 189 47 41 4 2 1.7 4.9 21 0.01
KL32-03 139.5 142.5 0.0012 12 0.05 1.1 214 225 8 9 1 0.01 1.2 2.4 26 0.01
KL32-03 142.5 145.5 0.0005 5 0.04 0.5 163 135 5 5 0.01 0.01 0.5 1.8 23 0.01
KL32-03 145.5 148.4 0.0005 5 0.03 0.01 122 165 4 3 0.01 0.01 0.7 1.4 24 0.01
KL32-03 148.4 151.4 0.0036 36 0.03 1.3 450 840 7 6 1 0.01 5.3 1.6 25 0.01
KL32-03 151.4 154.4 0.0228 228 0.06 10.1 8600 7300 31 6 2 0.01 14.5 7.4 32 0.38
KL32-03 154.4 157.4 0.0017 17 0.04 1.6 630 730 6 7 2 0.01 1.3 2.7 26 0.01
KL32-03 157.4 160.4 0.0018 18 0.03 1.5 277 365 6 7 3 0.01 0.8 2.7 23 0.01
KL32-03 160.4 163.4 0.0026 26 0.06 1.5 540 1020 11 11 1 0.01 1.6 3.6 17 0.01
KL32-03 163.4 166.4 0.0051 51 0.05 4.1 1860 4650 15 18 1 0.01 5.6 9.6 16 0.01
KL32-03 166.4 169.4 0.0037 37 0.03 2.5 2070 1570 16 12 1 0.01 3.7 3.7 11 0.01
KL32-03 169.4 172.4 0.0015 15 0.03 2.2 183 630 6 9 3 0.01 1.4 2.5 15 0.01
KL32-03 172.4 175.4 0.0009 9 0.05 3.5 670 1130 11 9 3 0.01 3.2 3.5 15 0.01
KL32-03 175.4 178.4 0.0018 18 0.03 5.7 1330 1700 12 20 8 0.01 4.2 3.8 13 0.01
KL32-03 178.4 181.4 0.0059 59 0.05 9.6 5000 6300 22 11 3 0.01 10.9 4.7 12 0.01
KL32-03 181.4 184.4 0.0062 62 0.13 7 2080 2600 59 7 8 0.01 7.8 8.6 16 0.01
KL32-03 184.4 187.4 0.0069 69 0.04 9.6 5700 5300 17 10 6 0.01 8.9 9.4 19 0.01
KL32-03 187.4 190.4 0.0101 101 0.07 11.6 3900 4500 30 57 14 0.01 7.7 10.4 17 0.01
KL32-03 190.4 193.4 0.0191 191 0.07 18.1 7600 13300 35 29 10 0.01 16 16.0 17 0.01
KL32-03 193.4 196.4 0.0121 121 0.08 7.8 3900 3400 50 10 7 0.01 9.5 10.6 15 0.01
KL32-03 196.4 199.4 0.074 740 0.14 18.3 7900 7600 120 16 9 0.01 66 7.5 20 0.17
KL32-03 199.4 202.4 0.0312 312 0.13 9.9 13800 11000 87 24 5 2 40 11.0 13 0.01
KL32-03 202.4 205.4 0.0119 119 0.1 1.7 1130 1170 23 17 3 2 10.7 3.1 11 0.01
KL32-03 205.4 208.4 0.0261 261 0.09 3.9 1970 1260 68 26 15 3 8.4 5.8 22 0.01
KL32-03 208.4 211.4 0.027 270 0.16 6.5 2700 2700 120 19 14 2 8.3 9.1 20 0.01
KL32-03 211.4 214.4 0.052 520 0.67 5 1180 1240 130 23 7 0.01 3.8 11.7 17 0.2
KL32-03 214.4 217.8 0.102 1020 0.19 7.1 287 670 73 32 14 0.01 2 14.4 31 0.01
KL32-03 217.8 221 1.03 10300 1.4 21.2 259 279 80 15 13 35 4 40.0 148 0.01
KL32-03 221 224 1.93 19300 1.63 16.3 640 193 120 27 27 45 3.7 41.0 310 0.84
KL32-03 224 227 0.35 3500 0.19 4 142 127 340 610 5 15 3.6 12.6 311 0.3
KL32-03 227 230 0.5 5000 0.16 4.1 100 54 110 1100 3 16 2.3 16.8 140 0.19
KL32-03 230 233 0.95 9500 0.63 7.3 410 189 130 92 14 40 6.4 26.5 164 0.28
KL32-03 233 236 1.35 13500 1.29 8.6 348 139 76 93 5 23 9.2 19.5 166 0.24
KL32-03 236 239 1.01 10100 1.19 7.6 660 268 170 65 7 21 10.1 19.0 184 0.39
KL32-03 239 242 0.57 5700 0.74 4.9 730 361 110 40 9 16 8.1 21.5 56 0.22
KL32-03 242 245 0.79 7900 0.81 5.9 420 210 77 63 17 21 8.6 24.0 38 0.18
KL32-03 245 248 1.06 10600 1 7.2 231 165 120 51 21 42 6.9 22.0 32 0.01
KL32-03 248 251 0.87 8700 0.6 5.3 261 160 44 106 10 35 7.2 13.8 43 0.01
KL32-03 251 254 1.22 12200 0.76 7.5 141 67 40 268 8 18 4.3 12.2 59 0.01
KL32-03 254 257 0.79 7900 0.95 6.7 250 196 96 17 9 45 6.7 25.2 51 0.21
KL32-03 257 259.4 1.64 16400 1.64 8.7 313 62 78 258 10 54 7.8 35.5 77 0.35
KL32-03 259.4 262.4 1.65 16500 2 4.9 337 95 150 92 2 42 6.5 22.0 33 0.2
KL32-03 262.4 265.4 1.61 16100 1.79 10.2 840 82 52 9 12 22 1.5 39.3 31 0.26
KL32-03 265.4 268.4 1.8 18000 1.37 6.5 840 83 12 151 4 42 1.3 17.0 24 0.01
KL32-03 268.4 271.4 2.13 21300 2.35 7.8 640 362 300 79 10 46 7.7 29.5 112 0.54
KL32-03 271.4 274.4 2.58 25800 2.79 19.2 2840 78 45 430 7 80 1.9 25.5 200 0.84
KL32-03 274.4 277.4 3.3 33000 4.77 8.3 720 219 310 150 4 46 22 26.0 34 0.9
KL32-03 277.4 280.4 3 30000 3.05 6.3 530 47 10 280 1 52 1.4 17.0 25 0.1
KL32-03 280.4 283.4 2.49 24900 2.17 6.7 550 147 11 230 3 47 2.4 19.0 131 0.01
KL32-03 283.4 286.4 3.85 38500 2.45 13.6 610 270 210 53 43 52 5.9 26.0 254 0.41
KL32-03 286.4 289.4 3.57 35700 3.08 12.6 2400 1240 100 194 5 70 4.8 25.5 216 0.52
KL32-03 289.4 292.4 2.47 24700 3.34 8.3 640 205 150 214 2 51 3.7 18.0 238 0.28



Appendix V - 205 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-03 292.4 295.4 2.77 27700 2.98 9.9 4840 3500 150 242 4 61 7.1 19.0 236 0.21
KL32-03 295.4 298.4 2.5 25000 2.75 9.1 850 305 390 207 8 58 6.3 30.0 293 0.16
KL32-03 298.4 301.4 4.01 40100 4.08 17.5 1740 750 160 600 5 78 7.4 22.0 302 0.14
KL32-03 301.4 304.4 2.73 27300 2.93 10.5 1420 490 290 1035 3 70 18.5 26.0 302 0.19
KL32-03 304.4 307.4 3.64 36400 2.72 12.9 112 47 400 380 7 77 6.7 28.0 310 0.19
KL32-03 307.4 310.4 4.56 45600 4.25 31.6 148 54 280 540 8 70 10.3 25.0 271 0.16
KL32-03 310.4 313.4 5.38 53800 1.57 20.2 57 25 110 550 8 61 11.8 24.0 350 0.01
KL32-03 313.4 316.4 3.48 34800 1.2 14.8 38 35 87 580 7 56 6 30.5 103 0.01
KL32-03 316.4 319.4 2.49 24900 0.95 10.7 48 34 210 590 14 37 14.4 27.0 105 0.1
KL32-03 319.4 322.4 1.91 19100 0.49 8.8 33 24 980 332 36 12 56 32.0 110 0.1
KL32-03 322.4 325.4 0.72 7200 0.3 3.4 48 41 170 560 15 16 16.8 19.5 110 0.01
KL32-03 325.4 328.4 1.62 16200 0.93 6.7 25 18 100 940 18 33 4 17.0 235 0.1
KL32-03 328.4 331.4 1.7 17000 1.5 5.1 51 35 110 1310 4 45 3.7 15.0 293 0.13
KL32-03 331.4 334.4 2.3 23000 1.13 10.6 44 22 120 1000 8 51 3.8 25.0 95 0.17
KL32-03 334.4 337.4 3.25 32500 2.97 8.3 360 41 160 117 2 65 7.9 16.0 50 0.36
KL32-03 337.4 340.4 3.05 30500 3.24 12 970 235 180 226 2 54 14.5 18.0 219 0.34
KL32-03 340.4 343.4 3.11 31100 2.82 8.1 870 378 210 560 1 70 18.8 16.0 210 0.11
KL32-03 343.4 346.4 1.37 13700 1.58 9.2 4720 1620 330 240 7 52 74 13.5 93 0.22
KL32-03 346.4 349.4 1.99 19900 2.13 5.1 510 88 100 116 4 109 10.7 11.5 214 0.01
KL32-03 349.4 352.4 3.72 37200 4.34 11.5 790 165 78 500 2 87 6.2 15.0 89 0.11
KL32-03 352.4 355.4 2.21 22100 2.24 5.2 750 99 110 242 2 80 8.7 13.5 241 0.14
KL32-03 355.4 358.4 2.14 21400 2.13 4.7 1190 245 88 320 3 78 5.2 17.0 104 0.11
KL32-03 358.4 361.4 1.49 14900 1.31 4.3 690 236 73 200 2 146 4.7 36.5 415 0.01
KL32-03 361.4 364.4 1.18 11800 1.2 5.1 1180 213 79 118 6 46 2.9 41.0 131 0.1
KL32-03 364.4 366 1.67 16700 1.44 6.2 309 460 47 97 3 65 3.2 41.5 117 0.01
KL32-03 366 369 1.2 12000 1.55 6 1110 1900 69 67 3 66 4 47.0 287 0.01
KL32-03 369 372 1.33 13300 2.63 6.4 750 1630 120 37 2 41 8.5 29.0 56 0.01
KL32-03 372 375 1.57 15700 3.05 8 920 550 160 680 2 47 9.5 18.0 189 0.01
KL32-03 375 378 0.79 7900 1.94 4.5 700 147 140 36 3 57 5.8 43.8 215 0.01
KL32-03 378 381 0.89 8900 1.81 4.4 450 183 160 250 14 62 5.3 31.0 70 0.01
KL32-03 381 384 1.35 13500 3.16 5.8 304 233 150 90 3 38 4 26.0 54 0.01
KL32-03 384 387 1.8 18000 4.58 6.1 400 170 87 10 4 54 4.6 20.5 152 0.01
KL32-03 387 390 1.31 13100 2.5 4.4 214 298 83 17 3 34 4.3 21.0 105 0.01
KL32-03 390 393 0.77 7700 1.25 2.6 184 258 110 50 2 28 5.5 26.4 175 0.01
KL32-03 393 396 0.185 1850 1.35 2.1 480 340 290 880 2 9 9.8 15.0 137 0.1
KL32-03 396 399 0.25 2500 0.94 1.9 500 248 220 770 3 11 6.5 13.0 188 0.1
KL32-03 399 402 0.255 2550 0.67 2.1 334 278 100 70 3 14 3.5 14.4 109 0.01
KL32-03 402 405 0.55 5500 0.51 4.1 372 339 74 209 1 22 2.7 11.3 44 0.13
KL32-03 405 408 0.44 4400 0.3 4.9 2400 1890 150 112 5 16 4 7.5 186 0.59
KL32-03 408 411 0.73 7300 0.39 7.1 1010 336 520 160 6 19 3.2 21.9 101 0.86
KL32-03 411 414 0.76 7600 0.23 3.5 151 68 180 354 4 14 8 8.0 207 0.18
KL32-03 414 417 0.46 4600 0.75 4.3 223 91 130 515 5 15 2.4 12.7 208 0.29
KL32-03 417 420 1.51 15100 2 11.1 401 104 320 75 3 13 1.2 13.0 59 0.66
KL32-03 420 423 3.75 37500 2.95 22.7 870 163 220 9 4 92 7.6 23.0 218 0.39
KL32-03 423 426 1.97 19700 2.93 16.3 860 158 180 4 3 70 8.7 13.5 136 0.17
KL32-03 426 429 2.4 24000 2.06 13.4 1420 690 270 14 250 117 13.3 32.0 57 0.27
KL32-03 429 432 2.25 22500 1.46 9.8 131 86 170 26 26 67 8.2 34.5 107 0.16
KL32-03 432 435 0.61 6100 2.24 9.4 550 131 250 71 40 30 2.9 34.7 231 0.3
KL32-03 435 438 0.97 9700 1.78 24.2 2010 1860 880 750 108 47 4 94.8 270 0.31
KL32-03 438 441 1.18 11800 2.6 14.5 1230 1070 420 500 76 47 4.3 49.5 198 0.36
KL32-03 441 444 1.91 19100 2.16 21.8 7900 3240 570 424 44 134 8.5 49.0 123 0.53
KL32-03 444 447 2.44 24400 3.52 18.3 3400 480 620 13 5 100 17.8 36.0 199 0.31
KL32-03 447 450 3.08 30800 4.28 23.9 4640 1190 400 7 3 112 14.7 24.5 89 0.28
KL32-03 450 453 3.59 35900 3.8 33.8 4250 1200 570 13 4 180 15.4 35.0 211 0.49
KL32-03 453 455.5 2.81 28100 3.64 35.9 9050 3280 380 12 29 127 6.5 36.0 94 0.45
KL32-03 455.5 458.5 3.08 30800 3.6 34.2 6350 2070 440 12 20 146 11.6 31.5 210 0.51
KL32-03 458.5 460 1.46 14600 1.86 29.2 24700 10700 200 184 36 57 4.3 42.0 83 0.28
KL32-03 460 463 3.42 34200 2.98 69 47800 34300 170 342 113 30 6.5 44.0 116 0.45
KL32-03 463 465 0.53 5300 0.77 12.4 8400 4360 140 560 24 18 4.3 21.7 320 0.1
KL32-03 465 467.5 0.94 9400 0.63 12.7 9500 3840 110 610 30 4 6.3 12.5 172 0.72
KL32-03 467.5 470.5 0.46 4600 0.37 1.9 243 114 90 2780 16 18 2.4 29.9 274 0.01
KL32-03 470.5 473.5 0.088 880 0.23 1.3 122 87 70 680 8 7 0.8 30.4 120 0.01
KL32-03 473.5 475.9 0.177 1770 0.22 1.2 650 70 41 630 9 10 1.6 12.3 34 0.01



Appendix V - 206 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-03 475.9 478.8 0.39 3900 0.2 1.6 196 88 100 470 13 4 2.6 8.8 232 0.01
KL32-03 478.8 481.8 0.3 3000 0.16 1 68 37 97 325 12 3 2.4 11.0 102 0.01
KL32-03 481.8 484.3 0.41 4100 0.63 1.9 178 45 200 290 16 2 9.3 16.3 207 0.01
KL32-03 484.3 486.45 0.081 810 0.16 0.9 231 144 96 480 7 2 2.6 24.0 108 0.01
KL32-03 486.45 488.1 0.61 6100 0.18 2 103 47 300 710 7 5 10.2 12.3 104 0.01
KL32-03 488.1 491.1 0.55 5500 0.2 4.1 420 224 410 550 6 4 2.6 9.5 175 0.17
KL32-03 491.1 492 0.35 3500 0.28 3.6 720 259 460 490 5 4 7.4 9.0 47 0.44
KL32-03 492 495 0.057 570 0.26 1.7 214 145 63 975 7 7 1.1 19.7 53 0.1
KL32-03 495 498.35 0.055 550 0.12 0.01 90 52 12 264 4 4 0.5 16.0 158 0.01
KL32-03 498.35 501 0.19 1900 0.56 1.4 124 47 42 835 12 5 1.5 18.5 61 0.01
KL32-03 501 504 0.4 4000 0.5 3.2 296 118 28 1380 14 8 0.9 45.8 210 0.01
KL32-03 504 507 0.99 9900 0.7 6.6 3460 1010 300 278 31 31 5.3 82.3 87 0.34
KL32-03 507 510 0.44 4400 0.61 5.7 12200 2560 37 270 18 7 1.6 69.0 93 0.71
KL32-03 510 513 2.42 24200 1.05 5.8 185 68 710 440 9 7 11 45.5 94 0.15
KL32-03 513 516 1.52 15200 2.06 6 2310 78 86 240 47 14 3.4 55.0 113 0.28
KL32-03 516 519 1.47 14700 2.61 7.5 11100 126 44 130 150 13 2.2 78.0 394 0.53
KL32-03 519 521 0.965 9650 1.46 3.8 14300 124 58 60 62 5 3.1 40.0 373 1.12
KL32-03 521 523 2.45 24500 1.35 6.2 2570 221 1140 93 40 13 26 76.5 115 0.38
KL32-03 523 526 0.46 4600 0.4 2.5 360 152 56 1470 20 7 7.7 34.9 210 0.14
KL32-03 526 529 1.11 11100 0.42 3 228 47 200 281 14 31 4.5 47.0 305 0.18
KL32-03 529 532
KL32-03 532 535
KL32-03 535 538
KL32-03 538 541
KL32-03 541 544
KL32-03 544 547
KL32-03 547 550
KL32-03 550 553
KL32-03 553 556
KL32-03 556 559
KL32-03 559 562
KL32-03 562 565
KL32-03 565 568
KL32-03 568 571
KL32-03 571 574
KL32-03 574 577
KL32-03 577 580
KL32-03 580 583
KL32-03 583 586
KL32-03 586 589
KL32-03 589 592
KL32-03 592 595
KL32-03 595 598
KL32-03 598 601
KL32-04 0 3 0.0045 45 0.01 0.01 176 78 9 2 0.01 0.01 0.7 1.1 20 0.01
KL32-04 3 6 0.0057 57 0.01 0.01 375 112 11 4 0.01 0.01 0.8 1.5 23 0.01
KL32-04 6 9 0.0098 98 0.02 1.2 610 560 27 5 2 0.01 1.6 5.2 24 0.01
KL32-04 9 12 0.0046 46 0.02 0.01 246 132 15 3 0.01 0.01 1.1 2.9 20 0.01
KL32-04 12 15 0.025 250 0.01 5.2 2000 570 91 5 8 0.01 2.6 4.9 23 0.01
KL32-04 15 18 0.0032 32 0.09 1.4 407 710 45 4 0.01 0.01 1.5 5.4 25 0.01
KL32-04 18 21 0.0022 22 0.01 1.2 368 225 20 3 0.01 0.01 0.9 3.4 24 0.01
KL32-04 21 24 0.0025 25 0.01 0.7 261 293 18 2 0.01 2 1 2.2 24 0.01
KL32-04 24 27 0.098 980 0.07 16.5 7400 2200 320 18 24 4 8.9 18.7 20 0.23
KL32-04 27 30 0.0041 41 0.08 3 870 1790 61 9 3 0.01 3.5 7.3 21 0.01
KL32-04 30 33 0.0045 45 0.18 3.2 1220 1450 59 6 4 0.01 3 6.2 22 0.01
KL32-04 33 36 0.0202 202 0.37 10.8 3110 2010 100 15 59 0.01 6 27.5 19 0.13
KL32-04 36 39 0.003 30 0.13 1.9 640 800 43 3 1 0.01 2.3 4.4 20 0.01
KL32-04 39 42 0.0041 41 0.3 2 500 1520 80 2 0.01 0.01 2.7 9.4 25 0.12
KL32-04 42 45 0.0045 45 0.05 1.8 770 620 20 2 1 0.01 2 3.7 20 0.01
KL32-04 45 48 0.0014 14 0.02 0.01 83 98 8 0.01 0.01 0.01 0.5 2.0 21 0.01
KL32-04 48 51 0.0013 13 0.01 0.01 65 110 8 0.01 0.01 0.01 0.4 2.0 24 0.01
KL32-04 51 54 0.002 20 0.01 0.01 84 156 30 0.01 1 0.01 1 2.9 26 0.01
KL32-04 54 57 0.0159 159 0.03 0.01 96 115 75 3 1 2 3 1.2 68 0.01



Appendix V - 207 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-04 57 60 0.017 170 0.04 2.4 970 1010 25 4 5 3 1.8 3.4 54 0.01
KL32-04 60 63 0.0216 216 0.03 3.8 1270 1470 42 4 3 2 4.1 9.9 26 0.01
KL32-04 63 66 0.0137 137 0.06 6.5 3100 2100 50 3 8 0.01 7.5 9.4 15 0.11
KL32-04 66 69 0.049 490 0.14 8.2 7500 3000 170 18 17 19 10.9 21.5 23 0.22
KL32-04 69 72 0.0363 363 0.03 4.8 1340 1840 59 7 36 2 6.2 9.3 92 0.01
KL32-04 72 75 0.0181 181 0.03 8.8 910 1020 79 9 38 0.01 5.9 38.3 21 0.01
KL32-04 75 78 0.0152 152 0.04 1.5 272 237 40 11 6 0.01 3 4.9 33 0.01
KL32-04 78 81 0.0162 162 0.02 0.01 117 173 28 6 2 0.01 1.9 1.6 35 0.01
KL32-04 81 84 0.0076 76 0.03 1.2 88 178 40 14 28 0.01 3.2 4.5 19 0.01
KL32-04 84 87 0.062 620 0.09 3.2 470 700 80 22 48 3 10.2 11.7 32 0.01
KL32-04 87 90 0.0198 198 0.1 4.8 353 580 98 9 36 0.01 7.3 6.5 30 0.01
KL32-04 90 93 0.0278 278 0.3 3.7 1530 830 120 12 10 0.01 9 8.8 36 0.01
KL32-04 93 96 0.007 70 0.01 0.01 124 190 81 11 8 0.01 7.7 3.3 19 0.01
KL32-04 96 99 0.0101 101 0.1 1.3 417 240 84 12 40 0.01 7.5 4.2 19 0.01
KL32-04 99 102 0.0186 186 0.12 12.5 5200 4800 51 8 26 0.01 5.7 12.2 18 0.1
KL32-04 102 103.2 0.0203 203 0.31 4.5 1600 1040 100 15 29 0.01 9 9.9 26 0.01
KL32-04 103.2 106 0.0106 106 0.08 3.9 1100 720 37 6 10 0.01 4 5.9 24 0.01
KL32-04 106 109 0.0097 97 0.06 8.2 2700 7000 21 8 7 0.01 6.7 9.0 20 0.01
KL32-04 109 112.2 0.0124 124 0.06 9.2 3320 5800 28 14 16 0.01 5.5 14.4 21 0.01
KL32-04 112.2 115 0.0224 224 0.02 18.8 8900 18300 15 4 11 0.01 28 15.6 18 0.1
KL32-04 115 118 0.0243 243 0.05 15.7 8800 10500 22 5 18 0.01 10 19.2 20 0.01
KL32-04 118 121 0.013 130 0.02 9.7 5800 7500 18 4 4 0.01 10.6 10.5 19 0.01
KL32-04 121 123 0.0077 77 0.01 4.1 1450 3000 8 4 4 0.01 3.8 5.0 20 0.01
KL32-04 123 126.5 0.0093 93 0.01 11.8 3400 9800 14 3 14 0.01 10.7 17.4 25 0.01
KL32-04 126.5 130 0.0069 69 0.05 13.2 2600 10600 17 2 14 0.01 11.7 9.8 23 0.01
KL32-04 130 132.5 0.0008 8 0.03 0.01 140 156 8 4 0.01 0.01 0.5 0.9 23 0.01
KL32-04 132.5 135.7 0.081 810 0.22 53.5 19200 28400 90 10 66 0.01 28.4 60.3 24 0.19
KL32-04 135.7 138.8 0.0049 49 0.02 4.4 1600 3170 8 3 11 0.01 2.5 5.3 20 0.01
KL32-04 138.8 142 0.0023 23 0.01 2 610 1070 6 4 4 0.01 1.1 2.5 18 0.01
KL32-04 142 145 0.0025 25 0.02 2.1 1410 1630 6 4 4 0.01 1.6 2.1 16 0.01
KL32-04 145 148 0.0042 42 0.04 5.3 2570 4400 12 15 9 0.01 3.8 5.0 10 0.01
KL32-04 148 151 0.0098 98 0.13 8.7 6200 6800 21 22 9 0.01 5.9 86.0 10 0.01
KL32-04 151 154 0.0016 16 0.05 1 590 700 9 13 1 0.01 0.7 2.8 10 0.01
KL32-04 154 157 0.0012 12 0.03 0.8 380 348 10 8 0.01 0.01 0.8 1.3 9 0.01
KL32-04 157 160 0.0031 31 0.01 1.4 2040 2030 8 4 0.01 0.01 1.7 1.6 9 0.01
KL32-04 160 163 0.002 20 0.02 1.2 730 860 7 3 0.01 0.01 1.2 3.1 11 0.01
KL32-04 163 166 0.0025 25 0.01 1.3 970 1350 10 5 0.01 0.01 2 2.8 12 0.01
KL32-04 166 169 0.0018 18 0.04 3.2 1520 1830 11 6 3 0.01 2.1 5.7 9 0.01
KL32-04 169 172 0.0101 101 0.12 16.3 5600 6800 46 10 1 0.01 12 7.6 12 0.1
KL32-04 172 175 0.0237 237 0.11 47.9 15200 32100 83 28 4 0.01 38 20.0 16 0.01
KL32-04 175 178 0.0125 125 0.06 10.5 4800 7600 72 21 11 0.01 8.7 13.1 13 0.01
KL32-04 178 181 0.0068 68 0.02 1 378 480 11 2 0.01 0.01 3.3 3.5 12 0.01
KL32-04 181 184 0.0104 104 0.06 5.9 7500 1860 26 28 10 2 4.5 5.4 11 0.23
KL32-04 184 187 0.0075 75 0.03 4.8 4800 3100 19 18 3 0.01 3.5 4.9 13 0.01
KL32-04 187 190 0.0214 214 0.07 6.5 7200 4900 37 25 1 0.01 6.8 6.6 12 0.01
KL32-04 190 193 0.0118 118 0.04 5.6 3840 4800 40 16 2 2 4 7.9 13 0.01
KL32-04 193 196 0.0339 339 0.14 6.2 4000 5110 82 17 3 0.01 4.9 13.2 18 0.01
KL32-04 196 199 0.0156 156 0.08 3.5 2120 1600 65 46 7 4 2.8 7.3 26 0.01
KL32-04 199 202 0.0122 122 0.04 3.1 960 830 28 35 12 2 0.9 10.7 16 0.01
KL32-04 202 205 0.32 3200 0.36 8.7 9300 710 41 518 50 3 2 12.7 13 0.01
KL32-04 205 208 0.0147 147 0.05 1.6 113 174 20 62 10 2 0.5 4.5 12 0.01
KL32-04 208 211 0.028 280 0.09 1.2 660 149 36 30 18 0.01 0.6 3.1 13 0.01
KL32-04 211 214 0.0345 345 0.12 2.4 1020 540 96 29 24 3 1.4 6.3 11 0.21
KL32-04 214 217 0.085 850 0.15 2.2 1900 382 73 38 20 2 1.5 6.7 14 0.21
KL32-04 217 219.2 0.078 780 0.13 3.4 2800 1630 53 47 17 2 1 4.8 10 0.2
KL32-04 219.2 220.1 1.27 12700 2.92 45.7 5500 2500 69 258 82 37 2.4 32.3 51 0.01
KL32-04 220.1 223 1.03 10300 1.07 23.5 730 162 58 35 20 35 1.9 26.5 49 0.01
KL32-04 223 226 0.42 4200 0.56 11.3 313 97 43 994 42 12 2.8 14.4 85 0.01
KL32-04 226 229 0.266 2660 0.19 4.9 128 71 25 2320 30 12 2.7 6.2 87 0.01
KL32-04 229 232 0.395 3950 0.38 9.2 145 117 17 1460 40 16 1.3 8.3 124 0.01
KL32-04 232 235 0.264 2640 0.24 12.9 194 600 11 430 55 6 1 4.6 54 0.01
KL32-04 235 238 0.58 5800 0.51 27.5 357 770 33 209 134 25 2.3 21.9 110 0.01
KL32-04 238 241 0.73 7300 0.26 15.6 282 101 33 232 12 20 2.4 14.8 42 0.01



Appendix V - 208 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-04 241 244 0.54 5400 0.23 10.6 73 27 38 64 13 11 1.8 8.2 44 0.01
KL32-04 244 247 0.5 5000 0.29 9.5 250 68 83 33 10 43 1.3 18.0 45 0.01
KL32-04 247 250 1.29 12900 0.92 23.9 3100 1100 1130 176 9 18 200 16.3 100 0.54
KL32-04 250 253 0.09 900 0.27 3 430 232 62 59 4 3 6.3 14.3 80 0.15
KL32-04 253 256 0.0335 335 0.1 2.2 120 48 18 460 8 4 3 10.9 18 0.01
KL32-04 256 258 0.17 1700 0.27 5.2 320 93 28 450 7 5 1.9 13.3 39 0.01
KL32-04 258 261 0.161 1610 1.19 5.3 208 85 39 74 19 12 3.6 7.2 48 0.01
KL32-04 261 264 0.379 3790 0.53 2.5 158 64 32 4 30 15 1.8 8.9 70 0.01
KL32-04 264 267 0.85 8500 1.35 6.3 272 154 26 11 260 15 3 7.0 63 0.01
KL32-04 267 270 0.67 6700 1 2.5 680 198 81 8 19 16 2.7 16.8 52 0.12
KL32-04 270 273 0.478 4780 0.66 1.7 121 111 33 0.01 4 14 2.3 9.9 59 0.01
KL32-04 273 276 0.95 9500 1.34 3.8 146 54 81 2 16 16 2.3 1.5 67 0.01
KL32-04 276 279 0.97 9700 2.05 3.7 510 83 80 10 26 24 4.6 4.2 66 0.18
KL32-04 279 282 2.18 21800 2 7.5 96 26 21 6 2 36 4.6 25.3 45 0.01
KL32-04 282 285 1.56 15600 1.36 3.7 110 30 15 4 2 43 1.1 17.3 55 0.01
KL32-04 285 288 2.28 22800 1.13 6.4 680 133 51 34 2 56 1.3 20.7 88 0.23
KL32-04 288 291 2.29 22900 1.94 5.2 450 107 360 30 2 52 5.9 20.7 98 0.17
KL32-04 291 294 2 20000 1.13 4.8 239 76 60 3 2 47 9.3 15.5 84 0.17
KL32-04 294 297 2.79 27900 2.27 7.3 140 34 22 8 1 37 1.1 22.5 56 0.14
KL32-04 297 300 2.68 26800 2.25 9.3 630 134 69 3 2 48 10.8 27.5 84 0.22
KL32-04 300 303 3.5 35000 2.77 8.9 359 66 28 21 1 49 0.01 36.0 95 0.18
KL32-04 303 306 2.31 23100 0.56 4.3 2400 580 960 540 4 56 1.2 23.5 55 1.1
KL32-04 306 309 0.57 5700 0.23 1.6 940 198 150 120 3 30 0.5 20.1 91 0.86
KL32-04 309 312 0.89 8900 0.35 3 1310 265 520 56 3 38 8.5 16.5 83 1.3
KL32-04 312 315 1.27 12700 0.59 2.4 250 78 170 342 1 19 0.9 12.5 64 0.28
KL32-04 315 318 0.311 3110 0.17 1.1 800 229 210 399 1 40 4.4 26.2 436 0.25
KL32-04 318 321 1.75 17500 0.36 2.9 600 169 540 157 2 34 3.4 14.0 92 0.51
KL32-04 321 324 1.26 12600 0.2 2.7 110 39 20 227 1 42 0.3 32.5 213 0.12
KL32-04 324 327 1.31 13100 0.2 3.2 173 88 220 520 0.01 47 0.4 21.5 195 0.22
KL32-04 327 330 1.15 11500 0.3 3.4 146 65 84 830 0.01 94 0.2 20.5 200 0.13
KL32-04 330 333 0.86 8600 0.28 2.1 190 89 36 195 0.01 68 0.2 14.8 194 0.1
KL32-04 333 336 1.12 11200 0.42 2.2 324 240 91 373 0.01 54 0.8 9.3 196 0.11
KL32-04 336 339 1.03 10300 0.41 2.1 161 347 39 501 1 45 0.8 10.8 195 0.11
KL32-04 339 342 1.3 13000 0.48 2.5 1450 1260 720 520 0.01 48 22 11.5 144 0.58
KL32-04 342 345 1.21 12100 0.55 2.1 570 420 290 830 1 45 2.5 16.0 138 0.2
KL32-04 345 348 1.02 10200 0.51 1.9 161 51 14 570 0.01 29 0.2 9.0 184 0.01
KL32-04 348 351 1.09 10900 0.6 1.4 324 34 7 365 1 20 0.01 16.5 153 0.01
KL32-04 351 354 1.41 14100 0.76 2 400 58 5 1000 1 17 0.2 15.5 197 0.01
KL32-04 354 357 0.83 8300 0.4 1.4 1920 237 20 417 0.01 15 0.2 10.0 123 0.38
KL32-04 357 360 0.86 8600 0.41 1.4 540 97 13 304 0.01 13 0.2 9.0 125 0.3
KL32-04 360 363 1.74 17400 0.53 2.4 187 45 18 302 0.01 19 0.4 16.0 137 0.12
KL32-04 363 366 1.85 18500 0.76 2.4 200 167 410 304 0.01 16 2.2 14.5 132 0.01
KL32-04 366 369 0.96 9600 0.42 1.4 360 160 210 423 0.01 11 1.5 10.0 117 0.1
KL32-04 369 372 1.39 13900 0.55 1.8 83 78 74 480 0.01 13 0.3 14.5 106 0.13
KL32-04 372 375 1.74 17400 0.46 2.7 90 34 580 575 0.01 20 2.6 14.0 135 0.22
KL32-04 375 378 2.01 20100 0.35 3.4 660 141 1350 1340 2 19 18 11.0 95 0.65
KL32-04 378 381 2.39 23900 0.75 4.1 1000 281 880 1540 2 27 24 9.0 73 1.3
KL32-04 381 384 2.76 27600 1.13 4 146 68 210 690 1 25 3.2 17.5 108 0.84
KL32-04 384 387 1.82 18200 0.64 3.1 610 178 27 334 1 24 0.4 10.0 116 0.54
KL32-04 387 390 0.85 8500 0.33 3.2 3700 650 1070 123 1 25 37 13.0 156 2.76
KL32-04 390 393 1.89 18900 0.71 3 460 130 130 390 0.01 24 0.3 10.0 80 0.27
KL32-04 393 396 2.54 25400 1.43 10.7 4800 11400 180 840 1 31 6 25.0 48 0.98
KL32-04 396 399 3.14 31400 1.27 4.4 600 10500 120 435 1 46 2.1 24.0 136 0.18
KL32-04 399 402 4.04 40400 1.35 4 130 38 61 334 1 70 0.5 21.0 160 0.01
KL32-04 402 405 1.99 19900 0.69 3.1 520 490 71 590 1 39 0.4 20.0 87 0.35
KL32-04 405 408 0.92 9200 0.8 2.7 430 343 260 470 1 33 16.7 11.8 93 0.28
KL32-04 408 411 0.303 3030 0.12 1 127 46 18 304 1 23 0.6 10.3 130 0.01
KL32-04 411 414 0.474 4740 0.19 2 900 399 420 620 3 76 20 19.0 155 0.22
KL32-04 414 417 0.33 3300 0.08 1 670 174 290 474 1 66 6.5 24.2 131 0.14
KL32-04 417 420 0.54 5400 0.14 2.6 270 233 1030 580 2 30 26 12.5 207 0.1
KL32-04 420 423 1.23 12300 0.15 2.3 175 195 590 660 1 31 6.9 20.0 314 0.01
KL32-04 423 426 1.73 17300 0.2 3.1 114 275 500 465 1 46 2.4 26.7 291 0.1
KL32-04 426 429 1.71 17100 0.32 6.1 254 256 270 357 1 39 3.2 17.9 354 0.2



Appendix V - 209 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-04 429 432 2.88 28800 0.6 7 137 670 15 247 1 37 0.3 26.0 302 0.14
KL32-04 432 433.6 2.76 27600 0.92 6 550 137 12 540 1 47 0.4 30.0 278 0.01
KL32-04 433.6 435 5.95 59500 2 13.4 4400 10700 18 60 1 90 0.8 47.5 124 0.12
KL32-04 435 438 2.54 25400 1.55 9.5 500 3800 10 150 1 68 0.5 28.0 248 0.01
KL32-04 438 441 1.48 14800 0.93 5.6 450 325 12 180 3 96 0.4 20.0 173 0.01
KL32-04 441 443 1.98 19800 1.59 10.6 3700 6100 12 780 4 110 0.3 21.0 93 0.13
KL32-04 443 444 1.82 18200 1.08 6.3 620 241 4 45 3 48 0.5 13.2 128 0.01
KL32-04 444 447 2.19 21900 1.22 6.1 2800 990 9 140 2 47 1.1 13.0 156 0.01
KL32-04 447 450 2.39 23900 2.12 12 6100 5800 28 42 5 56 1.6 25.0 149 0.01
KL32-04 450 453.2 6.86 68600 3.31 22.8 3800 1260 6 12 2 48 0.3 30.0 127 0.01
KL32-04 453.2 456 2.28 22800 1.34 7.2 412 59 30 100 6 31 1.3 17.0 202 0.01
KL32-04 456 457.8 1.09 10900 0.69 3.4 195 67 25 8 15 34 1 45.3 178 0.01
KL32-04 457.8 459 1.02 10200 0.8 4.6 400 36 7 18 22 12 0.2 12.8 50 0.01
KL32-04 459 462 0.89 8900 0.48 2.7 176 75 4 260 5 44 0.3 26.5 64 0.01
KL32-04 462 465 0.955 9550 0.51 3.2 300 41 3 14 4 56 0.3 7.3 28 0.01
KL32-04 465 468 2.43 24300 1.56 11 530 98 5 8 3 49 0.5 11.0 26 0.01
KL32-04 468 469.15 1.12 11200 0.82 6.4 237 46 53 15 10 32 2 4.8 41 0.01
KL32-04 469.15 471 2.49 24900 1.31 23.5 570 87 37 15 4 31 2.4 12.0 36 0.01
KL32-04 471 474 1.67 16700 3.2 14.6 450 253 38 28 5 30 2.6 8.5 263 0.01
KL32-04 474 475.65 3.13 31300 1.47 36.7 870 268 14 110 26 97 1.3 46.0 213 0.01
KL32-04 475.65 480 2 20000 1.33 24.7 500 72 20 16 25 46 0.7 21.0 69 0.01
KL32-04 480 481.85 1.48 14800 1.4 24 3000 172 22 12 35 17 0.9 16.0 46 0.01
KL32-04 481.85 483 0.55 5500 0.81 7.6 391 46 60 5 16 14 1.6 8.8 99 0.01
KL32-04 483 486 0.509 5090 1.08 8.7 790 404 23 7 14 28 0.8 8.8 40 0.01
KL32-04 486 489 1.51 15100 1.6 14.4 2600 480 10 3 8 12 0.5 14.5 43 0.01
KL32-04 489 492 1.04 10400 0.48 3.7 104 26 11 4 3 14 0.4 21.3 100 0.01
KL32-04 492 495 0.429 4290 0.27 2.4 143 45 5 35 2 20 0.3 13.0 57 0.01
KL32-04 495 498 1.37 13700 1.19 8.7 160 29 8 7 0.01 31 0.4 16.5 50 0.01
KL32-04 498 501 0.38 3800 0.3 2.3 101 14 11 5 2 18 0.3 11.3 49 0.01
KL32-04 501 504 0.272 2720 0.19 2.1 151 38 13 10 2 20 0.3 7.5 75 0.01
KL32-04 504 506.4 0.89 8900 0.53 5.1 136 33 16 70 1 33 0.6 21.3 76 0.01
KL32-04 506.4 508.2 0.35 3500 0.21 1.7 105 18 9 58 1 14 0.4 19.0 27 0.01
KL32-04 508.2 510 0.57 5700 0.19 2.4 105 16 10 21 0.01 16 0.5 11.5 48 0.01
KL32-04 510 513 0.58 5800 0.19 2.4 80 53 7 103 0.01 12 0.4 14.8 92 0.01
KL32-04 513 516 0.81 8100 0.29 3.3 93 37 8 201 0.01 11 0.5 11.1 44 0.01
KL32-04 516 519 0.67 6700 0.13 2.1 59 18 2 24 0.01 10 0.01 6.8 50 0.01
KL32-04 519 522 0.59 5900 0.17 2.1 53 26 3 195 0.01 11 0.01 9.5 69 0.01
KL32-04 522 525 1.08 10800 0.11 2.5 47 20 7 70 0.01 8 0.3 13.5 58 0.01
KL32-04 525 527.1 0.442 4420 0.1 1.3 25 11 2 83 0.01 14 0.01 10.5 69 0.01
KL32-04 527.1 531 0.389 3890 0.12 1 34 12 2 28 0.01 16 0.01 7.8 44 0.01
KL32-04 531 534 0.234 2340 0.13 0.6 51 13 1 710 0.01 12 0.01 7.0 50 0.01
KL32-04 534 537 0.43 4300 0.22 1.4 88 14 3 61 1 35 0.3 9.5 45 0.01
KL32-04 537 540 0.507 5070 0.45 1.7 97 49 1 66 0.01 14 0.01 9.2 56 0.01
KL32-04 540 543 0.69 6900 0.07 1.6 80 43 2 95 0.01 18 0.2 14.0 136 0.01
KL32-04 543 546 1.05 10500 0.24 3.2 70 24 3 250 0.01 20 0.2 12.0 67 0.01
KL32-04 546 549 0.447 4470 0.13 1.3 145 42 3 85 0.01 23 0.2 15.3 142 0.01
KL32-04 549 550.95 0.63 6300 0.11 1.9 50 30 3 98 1 35 0.01 18.4 84 0.01
KL32-04 550.95 552 1.13 11300 0.08 3 51 17 1 1100 0.01 14 0.01 13.0 32 0.01
KL32-04 552 555 0.491 4910 0.13 2.4 540 820 2 113 0.01 17 2.3 16.8 87 0.01
KL32-04 555 558 0.289 2890 0.06 1.1 97 61 7 34 0.01 10 1.1 7.5 100 0.01
KL32-04 558 559.5 0.171 1710 0.04 1.7 54 30 1 14 0.01 4 0.3 3.5 84 0.01
KL32-04 559.5 561 0.378 3780 0.03 1.4 137 72 1 21 0.01 8 0.2 6.5 166 0.01
KL32-04 561 563.8 0.447 4470 0.07 1.5 100 42 3 185 0.01 18 0.4 7.8 95 0.01
KL32-04 563.8 566.8 0.234 2340 0.06 0.9 67 23 9 401 0.01 36 1.7 11.4 39 0.01
KL32-04 566.8 570 0.392 3920 0.06 1.5 297 194 65 88 0.01 21 5.4 14.2 69 0.01
KL32-04 570 573 0.304 3040 0.05 1.4 125 168 4 550 0.01 12 0.4 8.8 71 0.01
KL32-04 573 574.7 0.61 6100 0.22 2.4 32 19 1 155 0.01 12 0.4 10.3 47 0.01
KL32-04 574.7 576 1.26 12600 0.11 1.2 51 27 94 130 0.01 15 8.9 10.5 135 0.18
KL32-04 576 579 0.71 7100 0.04 0.8 26 13 90 143 1 18 4 10.5 169 0.18
KL32-04 579 582 0.59 5900 0.07 4.1 38 16 58 158 1 21 2.2 8.8 155 0.16
KL32-04 582 585 0.72 7200 0.11 1.4 32 11 29 380 1 24 1.8 10.9 153 0.1
KL32-04 585 588.85 0.62 6200 0.3 2.1 53 32 400 480 1 23 24 8.8 150 0.34
KL32-04 588.85 591 0.402 4020 0.23 1.6 49 26 7 121 0.01 12 0.4 4.3 109 0.01



Appendix V - 210 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-04 591 594 0.385 3850 0.16 1.1 39 23 2 83 0.01 7 0.4 5.2 96 0.01
KL32-04 594 597 0.331 3310 0.13 1 21 18 1 205 0.01 7 0.01 4.8 62 0.01
KL32-04 597 600 0.344 3440 0.12 1 37 8 0.01 113 0.01 6 0.01 4.3 43 0.01
KL32-04 600 603 0.259 2590 0.11 1 48 5 0.01 103 0.01 6 0.01 4.0 30 0.01
KL32-04 603 606 0.118 1180 0.05 0.01 25 7 0.01 93 0.01 0.01 1.8 2.0 28 0.01
KL32-04 606 609 0.177 1770 0.07 1 57 44 22 190 1 4 1.4 5.0 27 0.01
KL32-04 609 612 0.99 9900 0.34 2.4 104 69 16 375 0.01 17 0.7 8.7 202 0.01
KL32-04 612 615 0.32 3200 0.16 5.6 9800 8900 29 70 1 10 5.7 8.0 104 0.15
KL32-04 615 618 0.445 4450 0.2 1.6 175 118 140 188 1 28 0.9 15.7 155 0.01
KL32-04 618 621 0.88 8800 0.34 2.5 68 68 25 450 1 37 1.1 18.0 205 0.01
KL32-04 621 624.65 0.429 4290 0.16 1.5 35 21 2 195 0.01 17 0.2 14.0 114 0.01
KL32-04 624.65 627.6 0.64 6400 0.23 2 45 16 1 1650 0.01 24 0.01 10.0 91 0.01
KL32-04 627.6 630 0.8 8000 0.4 2.3 88 10 0.01 427 0.01 28 0.01 12.3 70 0.01
KL32-04 630 633.2 1.08 10800 0.43 3.1 120 34 4 440 0.01 49 0.01 14.8 75 0.01
KL32-04 633.2 636 0.77 7700 0.4 2.1 96 12 2 175 0.01 22 0.01 7.3 57 0.01
KL32-04 636 639 3.89 38900 1.37 10.1 327 16 0.01 63 0.01 50 0.01 21.0 55 0.01
KL32-04 639 641.9 1.05 10500 0.38 2.7 120 9 4 30 0.01 25 0.01 7.5 47 0.01
KL32-04 641.9 645 2.2 22000 0.72 6.3 178 13 3 520 0.01 33 0.01 8.5 31 0.01
KL32-04 645 648 2.47 24700 1.02 6.3 285 34 3 4050 0.01 30 0.01 14.0 27 0.01
KL32-04 648 650.4 2.19 21900 0.55 5.5 130 14 2 614 0.01 24 0.01 8.0 15 0.01
KL32-04 650.4 654 2.6 26000 1.24 7 190 15 4 1350 0.01 36 0.2 19.0 85 0.01
KL32-04 654 657 1.43 14300 0.64 3.7 117 12 8 80 0.01 26 0.01 11.0 35 0.01
KL32-04 657 660 0.75 7500 0.41 2.1 70 15 7 68 0.01 26 0.01 9.3 27 0.01
KL32-04 660 663 1.16 11600 0.65 3.4 104 9 5 55 0.01 18 0.01 9.3 57 0.01
KL32-04 663 666 1.59 15900 1.21 4.5 155 18 2 43 0.01 29 0.01 12.5 42 0.01
KL32-04 666 669 1.07 10700 0.55 2.4 81 9 7 40 0.01 27 0.01 9.5 27 0.01
KL32-04 669 672 0.82 8200 0.4 1.9 114 53 4 28 0.01 27 1 9.0 24 0.01
KL32-04 672 675 1.16 11600 0.6 3.4 95 11 3 25 0.01 24 0.01 9.0 30 0.01
KL32-04 675 678 1.01 10100 0.36 2.5 105 11 2 25 0.01 25 0.01 8.0 31 0.01
KL32-04 678 681 0.57 5700 0.23 1.5 124 17 2 30 0.01 23 0.01 7.0 17 0.01
KL32-04 681 684 1.62 16200 0.63 3.7 127 8 3 23 0.01 30 0.01 14.0 16 0.01
KL32-04 684 687 0.83 8300 0.3 1.5 100 12 3 115 0.01 26 0.2 10.1 45 0.01
KL32-04 687 690 1.35 13500 0.52 2.6 112 7 3 40 0.01 26 0.01 15.0 36 0.01
KL32-04 690 693 0.9 9000 0.46 1.7 145 8 1 14 0.01 19 0.01 8.1 26 0.01
KL32-05 0 3 0.0186 186 0.01 0.01 119 55 22 2 2 0.01 1.5 0.8 113 0.01
KL32-05 3 6 0.0055 55 0.03 0.01 269 92 11 0.01 0.01 0.01 1.1 0.8 43 0.01
KL32-05 6 9 0.0029 29 0.03 0.01 151 47 14 4 0.01 0.01 1.3 1.3 74 0.01
KL32-05 9 12 0.0025 25 0.01 0.01 125 38 15 3 0.01 0.01 0.8 1.3 70 0.01
KL32-05 12 15 0.0097 97 0.01 0.01 114 34 13 2 0.01 3 0.5 1.8 29 0.01
KL32-05 15 18 0.007 70 0.02 0.6 246 94 20 3 0.01 0.01 0.8 4.0 27 0.01
KL32-05 18 21 0.0084 84 0.01 1.2 207 98 27 2 2 0.01 1.1 2.3 30 0.01
KL32-05 21 24 0.0061 61 0.01 1 189 580 17 3 0.01 0.01 0.8 1.0 27 0.01
KL32-05 24 27 0.0095 95 0.02 4.5 1070 1970 37 18 11 0.01 2.5 6.3 26 0.01
KL32-05 27 30 0.0095 95 0.02 4.5 1070 1970 37 18 11 0.01 2.5 6.3 26 0.01
KL32-05 30 33 0.005 50 0.09 3.6 590 1400 110 7 6 0.01 4.1 3.2 25 0.1
KL32-05 33 36 0.0113 113 0.37 4.6 1490 1750 80 4 2 0.01 10.7 5.3 21 0.13
KL32-05 36 39 0.0027 27 0.02 0.8 234 640 26 4 1 0.01 2.4 1.3 23 0.01
KL32-05 39 42 0.0027 27 0.24 1 292 540 77 3 0.01 0.01 3.1 1.8 24 0.1
KL32-05 42 45 0.003 30 0.07 0.7 174 870 60 0.01 0.01 0.01 1.5 2.5 34 0.01
KL32-05 45 48 0.0018 18 0.03 0.01 81 183 22 0.01 0.01 0.01 0.5 1.5 28 0.01
KL32-05 48 51 0.002 20 0.01 0.5 136 560 9 2 0.01 0.01 0.4 1.8 27 0.01
KL32-05 51 54 0.0047 47 0.01 0.01 50 128 13 2 0.01 0.01 1.3 1.8 32 0.01
KL32-05 54 57 0.0042 42 0.01 1.1 235 360 40 12 2 0.01 1.4 3.0 56 0.01
KL32-05 57 60 0.0023 23 0.02 0.6 193 142 76 13 0.01 3 2.9 0.5 65 0.01
KL32-05 60 61.5 0.0187 187 0.02 0.7 104 134 38 5 1 2 3.2 0.0 133 0.01
KL32-05 61.5 63 0.161 1610 0.04 3.5 108 214 40 13 4 13 1.7 19.5 120 0.01
KL32-05 63 64.5 0.0104 104 0.07 0.9 145 167 53 6 2 4 1.5 1.3 99 0.01
KL32-05 64.5 66 0.018 180 0.04 2.6 2240 364 50 6 4 0.01 2.8 5.3 13 0.23
KL32-05 66 68.6 0.0112 112 0.04 3.7 800 1410 38 13 2 0.01 4.6 5.1 21 0.01
KL32-05 68.6 72 0.054 540 0.38 6.4 330 490 130 32 19 12 4.5 2.8 89 0.17
KL32-05 72 75 0.056 560 0.12 8.6 248 760 130 4 36 3 6.6 12.4 83 0.1
KL32-05 75 78 0.0099 99 0.05 1.4 87 85 56 6 7 0.01 5.9 2.7 126 0.01
KL32-05 78 81 0.67 6700 0.28 6.8 195 490 530 10 32 2 30 14.2 218 0.11



Appendix V - 211 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-05 81 82 0.0104 104 0.04 2.4 2330 940 18 12 18 0.01 1 1.8 24 0.01
KL32-05 82 84 0.0315 315 0.28 1.9 152 184 160 3 23 0.01 5.6 2.3 23 0.1
KL32-05 84 87 1.02 10200 0.28 39 2700 1160 1540 4 660 5 66 26.3 80 0.3
KL32-05 87 88 4.82 48200 0.32 73 540 1770 660 37 1200 6 26 25.0 64 0.32
KL32-05 88 90 0.25 2500 0.2 15.1 281 790 530 21 63 4 19.9 9.6 190 0.01
KL32-05 90 93 0.141 1410 0.35 20.6 334 2700 540 14 92 4 21 7.5 234 0.12
KL32-05 93 96 0.0302 302 0.35 4.8 164 970 180 2 28 5 16.7 6.3 28 0.1
KL32-05 96 99 0.0359 359 0.17 3.6 860 580 140 24 28 0.01 11.7 3.5 23 0.01
KL32-05 99 101.8 0.0132 132 0.18 3.3 283 590 65 8 14 0.01 2.7 2.0 30 0.01
KL32-05 101.8 104.1 0.0185 185 0.11 3 890 700 120 6 15 0.01 4.9 2.0 29 0.01
KL32-05 104.1 107 0.06 600 0.05 11.6 9000 7400 150 7 43 3 16.8 14.5 26 0.1
KL32-05 107 110 0.0036 36 0.06 2.8 730 1420 13 14 3 0.01 1.6 1.8 20 0.01
KL32-05 110 113 0.0042 42 0.03 2 960 1290 9 10 1 0.01 1.8 1.3 21 0.01
KL32-05 113 116 0.0033 33 0.04 3.4 560 690 20 4 6 0.01 1.3 4.8 23 0.01
KL32-05 116 119 0.0148 148 0.04 3.2 840 920 45 0.01 4 0.01 2.5 3.8 24 0.01
KL32-05 119 122 0.0078 78 0.06 4.7 1480 1610 23 7 7 0.01 1.8 3.3 23 0.01
KL32-05 122 125 0.0118 118 0.05 12.7 1670 1490 36 2 30 0.01 3.3 4.3 23 0.01
KL32-05 125 128 0.0031 31 0.05 2.1 94 196 17 4 5 0.01 0.4 4.5 27 0.01
KL32-05 128 131 0.0087 87 0.03 4.6 296 360 34 0.01 16 0.01 1.5 4.0 29 0.01
KL32-05 131 134 0.0056 56 0.02 2.4 700 347 12 0.01 6 0.01 1 1.8 31 0.01
KL32-05 134 137 0.0027 27 0.05 4 104 205 6 0.01 12 0.01 0.4 1.8 25 0.01
KL32-05 137 140 0.0049 49 0.04 4.3 116 286 15 4 14 0.01 0.7 3.5 30 0.01
KL32-05 140 143 0.0041 41 0.03 2.1 184 282 16 4 6 0.01 0.6 2.5 32 0.01
KL32-05 143 146 0.0065 65 0.03 3.1 440 640 24 0.01 6 0.01 1 1.8 33 0.01
KL32-05 146 149 0.0035 35 0.02 4.6 289 590 12 3 15 0.01 0.8 1.5 32 0.01
KL32-05 149 152 0.0027 27 0.04 1.6 123 409 12 4 3 0.01 0.7 1.0 27 0.01
KL32-05 152 155 0.0705 705 0.04 6.6 2420 4720 65 10 13 0.01 10.3 4.3 19 0.01
KL32-05 155 158 0.0339 339 0.08 16.6 15100 14100 18 38 30 0.01 4.7 12.5 18 0.01
KL32-05 158 161 0.0075 75 0.06 3 4150 3490 18 15 0.01 0.01 2.8 2.3 60 0.01
KL32-05 161 164 0.0408 408 0.1 16.3 27900 8400 65 12 28 0.01 9.1 13.3 18 0.17
KL32-05 164 168 0.0112 112 0.02 3.6 420 630 31 0.01 5 0.01 2 2.0 17 0.01
KL32-05 168 170 0.0061 61 0.01 3.7 2110 2900 12 5 3 0.01 3.5 1.8 18 0.01
KL32-05 170 173 0.0182 182 0.02 7 3800 7700 19 5 1 0.01 9.1 4.8 17 0.01
KL32-05 173 176 0.0033 33 0.01 1.3 940 1330 4 5 1 0.01 1 1.0 12 0.01
KL32-05 176 179 0.0029 29 0.03 1.8 1780 810 10 11 3 0.01 5.7 2.0 15 0.01
KL32-05 179 182 0.012 120 0.07 4.9 6700 3700 32 14 6 0.01 2.9 5.9 16 0.01
KL32-05 182 185 0.086 860 0.2 21 18500 4300 220 48 26 5 19.3 13.8 21 0.16
KL32-05 185 188 0.0349 349 0.11 1.8 364 550 18 15 1 0.01 0.8 4.3 20 0.01
KL32-05 188 191 0.0273 273 0.08 1.2 540 366 17 10 1 0.01 0.7 3.5 16 0.01
KL32-05 191 192.85 0.169 1690 0.19 3.9 9700 1160 16 10 7 10 1.2 9.3 17 0.01
KL32-05 192.85 194 0.0205 205 0.03 0.01 540 331 7 14 0.01 0.01 0.6 1.8 16 0.01
KL32-05 194 197 0.0133 133 0.03 1.1 500 238 14 13 2 0.01 1.2 3.3 15 0.01
KL32-05 197 200 0.031 310 0.05 0.9 450 247 12 7 2 0.01 0.8 2.5 17 0.01
KL32-05 200 203 0.064 640 0.03 0.7 285 305 12 10 1 0.01 1.6 1.8 22 0.01
KL32-05 203 206 0.021 210 0.03 0.7 480 351 17 9 3 0.01 3.1 2.3 20 0.01
KL32-05 206 209 0.055 550 0.04 6.7 1550 4210 21 4 2 0.01 13.3 4.8 18 0.01
KL32-05 209 212 0.0215 215 0.02 3.7 2850 3520 8 12 1 0.01 4.6 4.8 24 0.01
KL32-05 212 215 0.0197 197 0.07 2 940 970 27 14 4 0.01 3.6 6.3 23 0.01
KL32-05 215 218 0.0213 213 0.43 2.1 1240 1270 66 14 4 0.01 18.9 3.5 26 0.01
KL32-05 218 220.1 0.0273 273 0.17 5 1910 3300 65 18 30 0.01 5 15.8 32 0.01
KL32-05 220.1 222.1 0.0116 116 0.06 2.5 780 1180 15 13 7 0.01 0.8 6.8 21 0.01
KL32-05 222.1 225 0.0181 181 0.1 2.4 2010 1770 38 19 4 0.01 2.2 8.5 18 0.01
KL32-05 225 228 0.077 770 0.13 3 1850 2660 21 22 7 0.01 7.8 12.0 16 0.01
KL32-05 228 231 0.072 720 0.15 18.8 8400 8300 39 19 83 0.01 2.7 40.0 21 0.01
KL32-05 231 234.75 0.171 1710 0.51 8.1 8200 2500 68 303 28 4 2.8 19.5 15 0.01
KL32-05 234.75 236.1 0.87 8700 1.28 27.4 4100 880 40 45 95 25 2 45.0 25 0.01
KL32-05 236.1 239.9 0.168 1680 0.35 4.4 2760 385 39 143 26 5 2.4 15.3 29 0.01
KL32-05 239.9 241.4 1.4 14000 2.63 30 6200 150 93 10 59 50 1.3 39.0 30 0.01
KL32-05 241.4 245 0.51 5100 1.32 13 7100 600 84 120 50 20 4.6 19.3 24 0.63
KL32-05 245 248 0.198 1980 0.37 3.7 653 277 78 2070 42 8 10.7 6.8 60 0.01
KL32-05 248 251 0.3 3000 1.29 8.8 4800 1170 360 1460 44 9 34 12.0 60 0.68
KL32-05 251 254 0.23 2300 1.05 7.9 5300 2900 140 635 19 9 20.4 12.0 35 0.52
KL32-05 254 257 0.63 6300 1.01 14.2 22100 620 240 720 480 110 7 31.5 30 0.22



Appendix V - 212 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-05 257 260 0.48 4800 1.09 19.2 6000 2800 200 920 176 21 24 13.0 27 0.29
KL32-05 260 263 1.06 10600 1.81 24.7 21000 400 67 1200 250 90 1.9 45.8 21 0.01
KL32-05 263 266 1.1 11000 1.04 17.8 2700 1140 66 452 24 38 3.7 14.5 16 0.01
KL32-05 266 269 1.15 11500 0.73 18.2 2200 580 100 600 75 35 1.5 16.0 14 0.01
KL32-05 269 272 0.51 5100 0.45 14.2 19800 326 84 60 187 29 1.3 15.5 29 0.01
KL32-05 272 275 0.87 8700 0.61 16.9 16500 271 96 70 54 52 1 12.3 12 0.01
KL32-05 275 278 0.98 9800 1.56 21.8 8200 381 110 150 105 117 3 22.8 25 0.01
KL32-05 278 279.5 1.37 13700 1.77 20 730 222 68 298 83 31 4 18.5 33 0.01
KL32-05 279.5 281 0.373 3730 0.4 4.1 327 137 36 200 20 15 5.1 12.8 15 0.01
KL32-05 281 284 0.177 1770 0.22 1.8 320 197 100 119 13 19 6.2 22.3 54 0.01
KL32-05 284 287 0.58 5800 0.85 3.5 301 223 70 87 14 13 4.7 13.3 35 0.01
KL32-05 287 288.5 0.83 8300 1.23 8.2 352 170 150 190 18 16 5.2 15.5 43 0.01
KL32-05 288.5 290 1.01 10100 1.17 9.8 940 200 140 4960 30 36 6.7 14.7 175 0.01
KL32-05 290 293 0.87 8700 2.02 13.2 2400 401 140 175 192 42 3.7 39.5 115 0.01
KL32-05 293 296 2.25 22500 2.06 16.2 600 140 63 83 40 43 3.3 43.0 49 0.01
KL32-05 296 299 2.12 21200 1.62 9 364 125 22 115 26 51 2.3 35.0 121 0.01
KL32-05 299 300.7 2.42 24200 1.5 6.8 346 98 25 55 3 33 1.7 32.0 35 0.01
KL32-05 300.7 302 5.06 50600 3.16 9.9 570 75 2 34 1 46 0.8 22.5 37 0.01
KL32-05 302 305 3.4 34000 2.4 9.6 830 70 5 25 3 51 0.8 27.5 25 0.01
KL32-05 305 308 3.13 31300 2.53 9.6 1450 590 7 16 5 42 1.1 17.0 47 0.01
KL32-05 308 311 4.84 48400 4.85 10 2200 131 17 32 4 91 1.4 20.0 24 0.01
KL32-05 311 314 2.48 24800 2.5 12.5 372 70 12 2 2 44 1.3 9.0 26 0.01
KL32-05 314 316.5 3.1 31000 1.55 10.3 800 231 240 70 1 45 5.3 18.0 59 0.25
KL32-05 316.5 319.25 1.44 14400 0.13 3.5 197 75 540 146 0.01 19 5 13.2 166 1.24
KL32-05 319.25 322.1 3.02 30200 0.48 6.5 162 52 250 193 0.01 30 3 20.0 82 0.25
KL32-05 322.1 325 1.8 18000 0.21 3.1 118 58 180 346 0.01 25 1.6 17.5 117 0.14
KL32-05 325 328 0.95 9500 0.11 2.3 108 31 270 323 0.01 29 22 13.8 37 0.27
KL32-05 328 331 0.74 7400 0.13 2 96 47 130 480 0.01 12 6.1 10.8 147 0.1
KL32-05 331 333 1.51 15100 0.16 5.5 275 107 320 392 0.01 16 6.2 10.5 88 0.19
KL32-05 333 337.5 1 10000 0.17 7.1 1920 860 280 284 0.01 15 9.6 9.5 76 0.36
KL32-05 337.5 340 1.47 14700 0.26 4.7 183 70 110 170 0.01 31 6.3 12.0 69 0.01
KL32-05 340 343 1.67 16700 0.32 4 163 59 85 240 0.01 32 32 7.5 75 0.01
KL32-05 343 346 1.65 16500 0.39 6.5 1800 750 360 357 0.01 33 204 8.8 59 0.3
KL32-05 346 349 1.66 16600 0.34 3.7 89 66 33 540 0.01 37 5.3 8.5 92 0.01
KL32-05 349 352 1.97 19700 1.16 3.2 77 49 12 730 0.01 31 2 9.5 55 0.01
KL32-05 352 355 1.91 19100 0.25 6 850 660 2100 1100 2 23 140 10.5 39 0.31
KL32-05 355 358 2.09 20900 0.35 3 660 186 140 1440 0.01 17 46 4.5 229 0.01
KL32-05 358 361 2.29 22900 0.47 9 4000 890 110 480 0.01 19 96 7.5 40 0.1
KL32-05 361 364 1.58 15800 0.23 5.2 530 166 91 580 0.01 18 75 7.0 195 0.01
KL32-05 364 367 2.3 23000 0.29 9.1 4500 1200 100 1100 0.01 20 100 12.5 236 0.2
KL32-05 367 370 0.93 9300 0.46 5.3 5900 4300 87 580 0.01 16 50 8.1 246 0.15
KL32-05 370 372.6 1.37 13700 0.41 3.3 149 90 14 362 1 19 3 5.0 152 0.01
KL32-05 372.6 376 1.42 14200 0.26 4.5 116 70 41 570 0.01 20 60 4.5 59 0.01
KL32-05 376 379 1.43 14300 0.16 2.2 210 80 220 560 0.01 14 60 10.5 110 0.01
KL32-05 379 382 1.48 14800 0.37 6 840 261 38 620 0.01 19 6.3 9.5 140 0.01
KL32-05 382 385 1.29 12900 0.6 2.1 116 49 6 309 0.01 14 2.4 9.0 106 0.01
KL32-05 385 388 0.99 9900 0.39 3.1 212 168 21 189 0.01 13 3.3 5.5 55 0.01
KL32-05 388 391 1.86 18600 0.81 2.7 164 128 7 86 1 14 2.2 5.0 118 0.01
KL32-05 391 394 4.01 40100 2.14 4.9 135 203 7 17 1 24 0.8 12.5 65 0.01
KL32-05 394 394.65 1.76 17600 1.3 12.8 2000 1440 120 95 70 21 10 11.5 119 0.2
KL32-05 394.65 397.5 2.79 27900 1.38 4.1 208 247 2 16 1 20 0.9 11.6 87 0.01
KL32-05 397.5 400.35 1.99 19900 0.93 2.6 131 105 13 183 1 15 0.9 7.5 134 0.01
KL32-05 400.35 402.6 2.62 26200 0.68 4.6 68 147 87 353 1 10 3 12.0 203 0.22
KL32-05 402.6 405 0.456 4560 0.16 4.8 337 980 49 272 5 4 2.9 5.1 215 0.01
KL32-05 405 408 1 10000 0.5 18.7 680 380 160 490 30 5 13.8 5.8 237 0.33
KL32-05 408 411 0.86 8600 0.37 13.1 378 327 96 630 17 3 45 4.0 296 0.3
KL32-05 411 414 0.82 8200 0.21 4.1 620 345 85 530 3 7 26 5.5 165 0.21
KL32-05 414 417 0.66 6600 0.13 1.5 148 107 200 450 1 7 2.8 6.0 168 0.01
KL32-05 417 420 0.79 7900 0.16 1.3 154 101 120 251 0.01 6 7.2 3.8 258 0.01
KL32-05 420 423 0.465 4650 0.11 1.5 198 135 620 740 0.01 2 3.2 5.8 280 0.01
KL32-05 423 426 0.496 4960 0.14 5.3 1890 3500 580 640 5 2 3.4 5.3 270 0.26
KL32-05 426 429 0.505 5050 0.21 2.3 396 231 670 297 1 3 2.7 3.5 271 0.01
KL32-05 429 432 0.521 5210 0.14 2 280 149 670 1350 1 4 2.2 5.3 120 0.01



Appendix V - 213 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-05 432 435 0.501 5010 0.17 9.6 540 620 1660 3960 1 3 50 6.3 217 0.3
KL32-05 435 438 0.66 6600 0.17 1.8 740 210 530 1180 1 4 0.8 6.5 132 0.01
KL32-05 438 441 0.71 7100 0.25 0.7 36 18 55 425 1 3 0.2 5.8 136 0.01
KL32-05 441 444 1.13 11300 0.51 13.5 400 281 400 770 6 3 80 7.8 128 0.45
KL32-05 444 447 1.22 12200 0.28 2 120 56 180 351 1 3 0.8 8.0 176 0.01
KL32-05 447 450 0.74 7400 0.17 1.3 81 32 280 510 0.01 3 1.7 6.0 179 0.01
KL32-05 450 453 0.62 6200 0.13 0.9 82 43 7 393 0.01 4 6 5.3 165 0.1
KL32-05 453 456 1.59 15900 0.56 25.7 182 94 230 463 17 20 40 6.5 151 0.21
KL32-05 456 459 1.02 10200 0.57 53 860 287 520 149 41 10 78 4.8 156 0.53
KL32-05 459 462 0.453 4530 0.21 7 3700 3540 22 82 2 10 2 4.8 162 0.01
KL32-05 462 465 0.78 7800 0.29 2.2 137 56 5 40 0.01 12 0.3 5.5 153 0.01
KL32-05 465 468 0.83 8300 0.33 1.7 125 52 7 50 0.01 9 0.5 6.7 570 0.01
KL32-05 468 471 0.534 5340 0.16 8.5 800 680 79 276 9 5 30 6.3 406 0.11
KL32-05 471 474 0.321 3210 0.09 10.7 276 265 81 113 7 5 34 4.8 560 0.01
KL32-05 474 477 0.435 4350 0.07 1.8 218 63 130 47 0.01 5 52 4.0 154 0.01
KL32-05 477 480 0.384 3840 0.08 1.4 208 90 52 164 0.01 4 34 5.3 362 0.01
KL32-05 480 483 0.71 7100 0.19 1.1 49 15 2 160 0.01 14 0.2 8.1 289 0.01
KL32-05 483 486 0.73 7300 0.17 0.9 48 10 3 66 0.01 11 0.7 6.0 190 0.01
KL32-05 486 489 0.57 5700 0.13 0.9 41 15 2 192 0.01 9 0.01 4.3 184 0.01
KL32-05 489 492 0.464 4640 0.14 0.7 55 21 3 60 0.01 8 0.3 4.6 362 0.01
KL32-05 492 495 0.507 5070 0.11 0.9 71 21 17 104 0.01 8 1.6 4.8 354 0.01
KL32-05 495 498 0.463 4630 0.07 1.3 264 182 110 172 1 7 28 5.6 412 0.01
KL32-05 498 501 0.454 4540 0.06 1.2 720 450 40 60 0.01 8 7 6.5 392 0.01
KL32-05 501 504 0.521 5210 0.04 0.6 62 14 11 124 0.01 6 0.4 5.0 181 0.01
KL32-05 504 507 0.401 4010 0.05 0.6 76 22 11 760 0.01 5 2.6 4.0 148 0.01
KL32-05 507 510 0.311 3110 0.03 0.8 590 287 30 114 0.01 7 2.4 4.0 343 0.01
KL32-05 510 513 0.331 3310 0.03 1 137 30 23 93 0.01 6 3 3.5 400 0.01
KL32-05 513 516 0.408 4080 0.04 0.5 31 13 10 103 0.01 6 0.5 4.3 412 0.01
KL32-05 516 519 0.55 5500 0.08 0.9 37 12 3 249 0.01 7 0.4 4.0 404 0.01
KL32-05 519 522 0.492 4920 0.04 0.8 35 12 6 170 0.01 9 0.8 5.6 545 0.01
KL32-05 522 525 0.459 4590 0.14 0.9 34 12 4 63 0.01 15 1.6 5.0 470 0.01
KL32-05 525 528 0.76 7600 0.1 1.3 97 31 18 168 0.01 13 3 5.8 335 0.01
KL32-05 528 531 0.381 3810 0.03 0.5 21 10 3 79 0.01 11 1 4.2 149 0.01
KL32-05 531 534 0.319 3190 0.03 0.7 74 21 97 86 1 10 7.2 3.6 142 0.01
KL32-05 534 536.2 0.292 2920 0.04 4.2 530 610 120 200 14 9 12 5.1 382 0.01
KL32-05 536.2 540 0.519 5190 0.17 1.3 55 14 4 93 0.01 17 0.6 6.3 262 0.01
KL32-05 540 543 0.525 5250 0.19 1.3 127 11 0.01 16 1 33 0.01 11.8 35 0.01
KL32-05 543 546 0.476 4760 0.24 1.2 106 5 0.01 22 0.01 31 0.01 6.6 24 0.01
KL32-05 546 549 1.23 12300 0.54 3.8 150 6 0.01 50 0.01 36 0.01 11.0 33 0.01
KL32-05 549 552 0.397 3970 0.18 1.1 97 6 0.01 21 0.01 33 0.01 7.2 14 0.01
KL32-05 552 555 0.62 6200 0.24 1 127 5 0.01 13 0.01 37 0.01 5.7 23 0.01
KL32-05 555 558 0.212 2120 0.08 0.5 86 5 0.01 11 0.01 30 0.01 3.2 16 0.01
KL32-05 558 561 0.64 6400 0.32 1.1 150 6 0.01 20 0.01 39 0.01 6.0 14 0.01
KL32-05 561 564 0.68 6800 0.44 1.5 168 7 0.01 132 0.01 38 0.3 5.8 16 0.01
KL32-05 564 565.5 0.97 9700 0.62 2 200 12 0.01 13 0.01 49 1.9 4.6 23 0.01
KL32-05 565.5 567 0.502 5020 0.32 1.1 71 8 5 11 0.01 20 0.01 7.0 16 0.01
KL32-05 567 570 0.22 2200 0.15 0.6 70 7 0.01 88 0.01 19 0.01 5.0 17 0.01
KL32-05 570 573 0.23 2300 0.15 0.5 82 5 0.01 11 0.01 29 0.01 0.7 24 0.01
KL32-05 573 576 1.85 18500 0.61 3.9 146 21 1 240 0.01 49 0.01 30.0 22 0.01
KL32-05 576 579 1.33 13300 0.33 2.1 63 6 1 690 0.01 28 0.01 15.5 32 0.01
KL32-05 579 582 0.51 5100 0.2 2 120 23 22 63 0.01 27 0.3 7.9 41 0.01
KL32-05 582 585 0.18 1800 0.06 0.5 63 6 13 28 0.01 21 0.01 2.2 26 0.01
KL32-05 585 588 0.497 4970 0.14 1.2 60 5 5 160 0.01 23 0.01 9.3 24 0.01
KL32-05 588 591 0.451 4510 0.17 1.2 79 8 0.01 50 0.01 28 0.01 11.2 38 0.01
KL32-05 591 594 0.382 3820 0.1 1 67 0.01 0.01 25 0.01 17 0.01 3.2 24 0.01
KL32-05 594 597 0.207 2070 0.04 0.01 34 0.01 0.01 7 0.01 14 0.01 3.8 42 0.01
KL32-05 597 600.2 0.398 3980 0.12 1 40 6 0.01 23 0.01 19 0.6 8.7 32 0.01
KL32-05 600.2 603 0.078 780 0.03 0.01 101 0.01 0.01 6 0.01 29 0.01 1.1 35 0.01
KL32-05 603 606 0.088 880 0.03 0.01 76 0.01 0.01 8 0.01 22 0.01 1.2 44 0.01
KL32-05 606 609 0.0385 385 0.04 0.01 114 0.01 0.01 2 0.01 30 0.01 1.5 31 0.01
KL32-05 609 612 0.422 4220 0.35 1 94 7 0.01 6 0.01 24 0.01 5.6 48 0.01
KL32-05 612 614.85 0.379 3790 0.35 0.7 81 5 0.01 11 0.01 17 0.01 4.5 44 0.01
KL32-05 614.85 618.6 0.185 1850 0.2 0.01 50 0.01 0.01 0.01 0.01 13 0.01 2.7 43 0.01



Appendix V - 214 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-05 618.6 621.65 1.51 15100 0.51 2.8 104 0.01 0.01 11 0.01 24 0.01 13.0 40 0.01
KL32-05 621.65 624 0.301 3010 0.25 0.7 53 0.01 0.01 2 0.01 18 0.01 3.9 44 0.01
KL32-05 624 628.05 0.68 6800 0.21 1.7 93 0.01 0.01 6 0.01 26 0.01 8.5 32 0.01
KL32-05 628.05 630 0.64 6400 0.55 1.5 58 19 13 82 0.01 25 0.7 8.4 77 0.01
KL32-05 630 633 0.105 1050 0.04 0.01 33 6 0.01 12 0.01 13 0.2 2.6 28 0.01
KL32-05 633 636 0.184 1840 0.08 0.8 40 15 0.01 27 0.01 11 0.01 3.6 47 0.01
KL32-05 636 639 0.28 2800 0.08 1 41 5 0.01 8 0.01 11 0.01 2.7 60 0.01
KL32-05 639 642 0.094 940 0.04 0.7 800 560 2 15 1 10 0.01 1.7 61 0.01
KL32-05 642 645.45 0.104 1040 0.02 0.01 28 16 0.01 38 0.01 8 0.6 1.9 107 0.01
KL32-05 645.45 648 0.099 990 0.01 0.01 23 12 0.01 29 0.01 5 1.2 1.5 117 0.01
KL32-05 648 651 0.146 1460 0.01 0.01 30 12 0.01 109 0.01 7 0.2 2.3 110 0.01
KL32-05 651 654 0.166 1660 0.01 0.01 15 5 0.01 84 0.01 8 0.2 2.2 164 0.01
KL32-05 654 657 0.161 1610 0.01 0.01 24 11 0.01 58 0.01 9 0.2 2.5 162 0.01
KL32-05 657 658 0.205 2050 0.05 0.8 40 51 8 55 1 13 0.2 2.5 123 0.01
KL32-05 658 661 1.21 12100 0.4 1.7 70 12 0.01 17 0.01 32 0.2 16.0 31 0.01
KL32-05 661 663 0.169 1690 0.1 0.6 29 6 6 15 0.01 6 0.01 2.7 12 0.01
KL32-05 663 666 0.105 1050 0.02 0.01 73 39 7 12 0.01 5 0.01 1.6 44 0.01
KL32-05 666 669.2 0.159 1590 0.03 0.6 22 15 5 22 0.01 15 0.2 3.5 101 0.01
KL32-05 669.2 672 0.266 2660 0.04 2.4 162 110 450 118 0.01 13 8.8 4.7 104 1.19
KL32-05 672 675 0.265 2650 0.04 0.5 27 18 64 33 0.01 12 0.4 3.9 67 0.01
KL32-05 675 678 0.6 6000 0.1 1.6 24 5 21 233 0.01 24 0.3 7.8 78 0.01
KL32-05 678 681 0.61 6100 0.15 1.3 26 9 71 45 0.01 26 0.2 6.8 98 0.01
KL32-05 681 684 0.412 4120 0.07 0.8 24 29 3 41 0.01 22 0.2 6.0 95 0.01
KL32-05 684 689.5 0.381 3810 0.06 0.6 49 17 41 48 0.01 23 0.4 9.9 117 0.01
KL32-05 689.5 691.2 0.138 1380 0.02 0.8 111 312 140 42 0.01 13 1.1 3.3 78 0.01
KL32-05 691.2 694 0.136 1360 0.08 2.1 77 215 300 54 0.01 12 5.8 4.1 119 0.13
KL32-05 694 697 0.162 1620 0.04 2.3 144 245 330 88 1 19 6 6.0 100 0.26
KL32-05 697 699 0.076 760 0.01 3.3 2060 3970 66 61 0.01 10 4.5 3.6 115 0.33
KL32-05 699 702 0.073 730 0.01 3.5 346 3200 200 57 1 13 7.2 5.3 150 0.13
KL32-05 702 705 0.109 1090 0.01 1.6 50 92 120 67 0.01 14 2.8 4.2 144 0.01
KL32-05 705 708 0.168 1680 0.27 8 383 1370 390 159 7 16 18 4.5 131 0.28
KL32-05 708 711 0.189 1890 0.05 5.8 1000 2200 530 100 4 15 32 4.0 153 0.55
KL32-05 711 714 0.11 1100 0.03 1.6 1140 352 82 80 3 14 2.8 3.4 102 0.19
KL32-05 714 717 0.062 620 0.04 2 2310 630 160 275 1 15 2 5.5 107 0.3
KL32-05 717 720 0.078 780 0.03 0.01 310 219 67 108 1 6 2.6 2.3 80 0.01
KL32-05 720 723 0.149 1490 0.01 0.01 341 157 66 94 0.01 8 2.1 3.3 76 0.01
KL32-05 723 726 0.063 630 0.01 0.01 17 12 14 44 0.01 7 0.6 1.6 95 0.01
KL32-05 726 729 0.086 860 0.01 0.01 28 11 2 45 0.01 7 0.2 2.4 210 0.01
KL32-05 729 732 0.048 480 0.01 0.01 17 8 2 23 0.01 7 0.2 2.4 160 0.01
KL32-05 732 735 0.05 500 0.01 0.01 32 21 38 39 0.01 7 0.4 2.3 127 0.01
KL32-05 735 738 0.0299 299 0.01 0.01 153 151 50 108 0.01 5 3.6 1.1 201 0.01
KL32-05 738 741 0.126 1260 0.04 2.1 74 62 88 74 5 8 92 2.8 152 0.11
KL32-05 741 744 0.0351 351 0.01 0.01 50 33 9 110 0.01 8 0.9 1.3 280 0.01
KL32-05 744 747 0.042 420 0.01 0.01 49 49 9 77 0.01 14 1 2.4 148 0.01
KL32-05 747 750 0.0243 243 0.01 0.01 59 50 8 85 0.01 7 1.2 2.7 182 0.01
KL32-05 750 753 0.0345 345 0.01 0.01 27 21 4 79 0.01 16 0.3 3.4 220 0.01
KL32-05 753 756 0.058 580 0.01 0.01 53 33 8 133 2 19 0.5 3.2 223 0.01
KL32-05 756 759 0.21 2100 0.02 4.8 151 153 78 60 20 10 3 2.3 107 0.01
KL32-05 759 762 0.024 240 0.01 0.01 26 14 19 102 0.01 14 1.1 2.9 185 0.01
KL32-05 762 765 0.0161 161 0.01 0.01 19 22 1 116 0.01 10 0.01 2.6 139 0.01
KL32-05 765 768 0.0163 163 0.01 0.01 15 20 15 77 1 7 1.5 1.5 276 0.01
KL32-05 768 771 0.0133 133 0.01 0.01 24 45 23 90 0.01 11 1.1 1.6 267 0.01
KL32-05 771 774 0.0129 129 0.01 0.01 34 52 19 75 0.01 16 1.3 2.0 218 0.01
KL32-05 774 775.7 0.104 1040 0.03 6.1 128 135 340 111 1 15 26 3.2 220 0.23
KL32-06 0 2.5 0.0044 44 0.03 0.6 620 218 10 3 0.01 0.01 2.6 2.0 23 0.01
KL32-06 2.5 5.1 0.0029 29 0.01 0.01 213 56 9 3 0.01 0.01 1.4 1.1 22 0.01
KL32-06 5.1 8 0.0028 28 0.01 0.01 299 99 9 2 0.01 0.01 1.2 1.2 24 0.01
KL32-06 8 10.5 0.0016 16 0.01 0.01 137 37 9 0.01 0.01 0.01 0.9 0.8 22 0.01
KL32-06 10.5 12.8 0.002 20 0.01 0.01 174 38 6 0.01 0.01 0.01 1 0.6 22 0.01
KL32-06 12.8 15.5 0.0018 18 0.01 0.01 154 38 7 0.01 0.01 0.01 0.8 0.5 20 0.01
KL32-06 15.5 18.6 0.001 10 0.01 0.01 123 36 5 0.01 0.01 0.01 0.8 1.1 18 0.01
KL32-06 18.6 21.8 0.0012 12 0.01 0.01 150 47 9 0.01 0.01 0.01 1.1 1.0 20 0.01
KL32-06 21.8 24.6 0.0022 22 0.01 0.01 124 35 6 0.01 0.01 0.01 1 0.8 21 0.01



Appendix V - 215 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-06 24.6 28 0.002 20 0.01 0.01 256 59 9 2 0.01 0.01 1.6 1.1 20 0.01
KL32-06 28 30.6 0.0016 16 0.02 0.01 308 75 6 0.01 0.01 0.01 1.4 1.1 26 0.01
KL32-06 30.6 33.6 0.0005 5 0.01 0.01 196 66 8 0.01 0.01 0.01 1 1.2 24 0.01
KL32-06 33.6 36.4 0.046 460 0.03 0.01 305 97 14 9 0.01 0.01 2.1 1.2 25 0.01
KL32-06 36.4 39.7 0.0068 68 0.02 0.01 1350 460 34 4 0.01 2 2.9 4.6 23 0.01
KL32-06 39.7 41.2 0.0104 104 0.03 0.01 490 122 20 6 0.01 0.01 1.7 1.1 34 0.01
KL32-06 41.2 43 0.0078 78 0.02 0.01 560 147 20 4 0.01 0.01 1.9 1.4 29 0.01
KL32-06 43 45.5 0.0029 29 0.01 0.01 490 167 32 0.01 0.01 3 1.7 2.6 16 0.01
KL32-06 45.5 47.5 0.008 80 0.01 0.01 146 61 22 3 0.01 0.01 1.8 0.9 17 0.01
KL32-06 47.5 50.5 0.0016 16 0.11 0.01 196 54 14 0.01 0.01 0.01 1.1 1.4 15 0.01
KL32-06 50.5 52.5 0.0021 21 0.01 0.01 106 90 22 0.01 0.01 0.01 1.5 1.3 16 0.01
KL32-06 52.5 54.8 0.0021 21 0.01 0.01 125 94 22 0.01 0.01 0.01 1.3 1.0 16 0.01
KL32-06 54.8 57.6 0.003 30 0.06 0.01 189 60 14 0.01 0.01 0.01 1.1 1.1 17 0.01
KL32-06 57.6 60.1 0.0067 67 0.06 0.01 169 56 20 4 0.01 2 2.2 1.4 19 0.01
KL32-06 60.1 62 0.0043 43 0.19 0.01 250 50 9 0.01 0.01 3 1.1 2.2 17 0.01
KL32-06 62 64 0.0082 82 0.22 0.8 600 183 23 15 1 0.01 4.3 2.0 30 0.01
KL32-06 64 66.4 0.0068 68 0.1 0.01 410 121 9 6 0.01 0.01 2.1 1.7 18 0.01
KL32-06 66.4 69.5 0.005 50 0.37 0.01 259 62 17 3 0.01 0.01 2.3 2.2 20 0.01
KL32-06 69.5 71.5 0.0016 16 0.42 0.01 196 47 14 2 0.01 0.01 1.2 1.9 18 0.01
KL32-06 71.5 74.5 0.0028 28 0.02 0.01 49 138 20 2 1 0.01 0.7 2.2 29 0.01
KL32-06 74.5 77.5 0.0011 11 0.05 0.6 69 269 18 3 1 0.01 1 4.0 20 0.01
KL32-06 77.5 81 0.0027 27 0.01 1 120 369 17 3 3 0.01 0.9 7.5 23 0.01
KL32-06 81 84 0.0021 21 0.01 5.1 420 1060 23 7 13 0.01 0.7 35.0 22 0.01
KL32-06 84 85.6 0.153 1530 0.03 70 23500 8500 64 51 401 3 3.1 352.0 26 0.1
KL32-06 85.6 86.6 0.56 5600 0.32 940 201000 91500 840 236 7200 12 50 3350.0 78 0.01
KL32-06 86.6 90.1 0.111 1110 0.16 156 32200 40200 210 86 560 2 32 430.0 29 0.36
KL32-06 90.1 93.1 0.0051 51 0.18 5.2 1100 1360 51 17 24 0.01 6.8 17.8 24 0.1
KL32-06 93.1 95.5 0.0104 104 1.05 15.2 1840 2800 130 9 44 0.01 22 44.0 30 0.11
KL32-06 95.5 97 0.002 20 0.27 0.7 49 120 13 2 3 0.01 6.8 4.5 19 0.01
KL32-06 97 100 0.0012 12 0.36 0.6 107 114 23 3 2 0.01 6.7 2.7 26 0.01
KL32-06 100 103 0.001 10 0.06 0.01 67 71 17 0.01 2 0.01 1 2.1 33 0.01
KL32-06 103 104.8 0.0025 25 0.4 0.9 119 142 29 0.01 3 0.01 1.1 3.7 31 0.01
KL32-06 104.8 107.8 0.0006 6 0.04 0.01 56 32 35 0.01 1 0.01 0.6 1.7 41 0.01
KL32-06 107.8 110.9 0.001 10 0.07 0.7 106 119 12 0.01 2 0.01 1.3 4.0 32 0.01
KL32-06 110.9 112 0.0075 75 0.05 0.01 96 50 13 0.01 0.01 0.01 1.8 3.6 26 0.1
KL32-06 112 115 0.0221 221 0.07 4.6 1300 650 48 19 0.01 0.01 7.4 14.9 44 0.19
KL32-06 115 118 0.0052 52 0.05 0.01 139 36 12 2 0.01 0.01 1.3 2.0 33 0.12
KL32-06 118 121 0.007 70 0.01 0.01 67 36 22 0.01 0.01 0.01 1 0.9 43 0.01
KL32-06 121 124 0.0054 54 0.04 0.01 74 38 14 4 0.01 0.01 1.2 2.5 23 0.1
KL32-06 124 127 0.0069 69 0.03 0.01 78 50 11 4 0.01 0.01 0.5 1.5 28 0.01
KL32-06 127 130 0.0084 84 0.01 0.01 128 72 18 2 0.01 3 1.3 2.3 25 0.01
KL32-06 130 133 0.0111 111 0.02 0.01 118 62 28 3 0.01 2 1.7 1.5 28 0.01
KL32-06 133 136 0.0211 211 0.05 0.7 284 111 43 7 0.01 2 4.7 1.9 34 0.01
KL32-06 136 139 0.0075 75 0.28 0.01 77 50 16 5 0.01 0.01 1.6 3.3 27 0.23
KL32-06 139 142 0.007 70 0.01 0.01 85 35 21 2 0.01 2 0.7 1.1 50 0.01
KL32-06 142 145 0.0086 86 0.01 0.01 96 36 21 4 0.01 4 0.9 0.8 50 0.01
KL32-06 145 148 0.0227 227 0.1 1 231 175 52 6 0.01 2 2 3.2 53 0.01
KL32-06 148 149.6 0.0128 128 0.03 0.01 130 85 27 4 0.01 2 1.3 3.0 37 0.01
KL32-06 149.6 154 0.0345 345 0.26 18 10400 13200 68 78 3 3 48 25.5 41 0.19
KL32-06 154 157 0.068 680 0.94 21.1 14000 14100 240 113 5 5 80 31.5 42 0.35
KL32-06 157 158.5 0.0302 302 0.17 19.1 10800 13600 71 11 4 3 56 28.8 34 0.18
KL32-06 158.5 162 0.0062 62 0.12 0.9 430 392 44 6 0.01 0.01 6.7 3.5 22 0.11
KL32-06 162 164 0.0134 134 0.19 0.6 480 410 27 3 0.01 0.01 8.1 3.5 32 0.01
KL32-06 164 167 0.0217 217 0.08 2.8 1100 1500 19 18 3 0.01 5 11.8 26 0.01
KL32-06 167 168.5 0.0193 193 0.01 0.01 69 58 8 8 0.01 0.01 4.3 0.0 24 0.01
KL32-06 168.5 169.5 0.0196 196 0.04 1.7 389 570 13 5 5 2 6.1 4.9 31 0.01
KL32-06 169.5 172.5 0.014 140 0.21 1.8 296 298 39 8 0.01 0.01 9.5 5.3 27 0.1
KL32-06 172.5 175.5 0.0151 151 0.24 0.5 171 138 27 7 0.01 0.01 3.2 2.4 26 0.01
KL32-06 175.5 178 0.067 670 0.21 13.8 2800 1660 130 60 54 6 42 48.0 105 0.57
KL32-06 178 180.8 0.0204 204 0.04 0.9 226 158 30 11 5 0.01 3.8 1.0 29 0.01
KL32-06 180.8 183.7 0.0184 184 0.05 1.4 410 250 32 12 6 0.01 5.4 2.6 22 0.1
KL32-06 183.7 186.2 0.0189 189 0.05 1.4 860 140 45 42 19 0.01 6.7 14.1 21 0.01
KL32-06 186.2 189.1 0.0227 227 0.04 1.2 480 428 27 9 11 0.01 4.2 2.1 24 0.01



Appendix V - 216 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-06 189.1 192.4 0.029 290 0.07 1.7 660 315 63 17 9 2 4.9 3.6 22 0.1
KL32-06 192.4 194.9 0.0167 167 0.05 0.6 336 129 29 15 3 0.01 2.4 1.3 19 0.01
KL32-06 194.9 198.9 0.0224 224 0.37 2.8 1060 710 73 21 6 2 12.2 4.7 30 0.14
KL32-06 198.9 202 0.0283 283 1.67 2.5 1720 640 180 500 15 3 48 12.0 32 0.35
KL32-06 202 205 0.0081 81 0.64 2.5 321 230 110 151 30 9 11.7 17.3 120 0.17
KL32-06 205 208 0.0048 48 0.64 1.3 337 105 130 84 4 2 7.7 4.6 126 0.14
KL32-06 208 210.4 0.0351 351 0.36 8.4 3500 5200 100 267 5 4 28 17.8 36 0.12
KL32-06 210.4 212.9 0.128 1280 0.51 5.1 1700 1720 170 528 6 6 14.6 11.3 40 0.23
KL32-06 212.9 215.3 0.0115 115 0.7 3.2 2500 520 220 1210 12 11 13.3 20.0 114 0.37
KL32-06 215.3 219.1 0.041 410 2.26 5.2 2400 910 300 1410 31 6 50 18.0 65 0.51
KL32-06 219.1 221.7 0.0319 319 0.85 1.7 1040 246 110 632 7 3 32 9.8 38 0.27
KL32-06 221.7 223.9 0.0138 138 3.07 1.9 710 266 250 1720 7 6 24 13.5 88 0.66
KL32-06 223.9 227 0.047 470 2.5 4.3 2300 970 260 1190 18 7 75 18.8 37 0.45
KL32-06 227 230.1 0.0314 314 0.77 8.2 3800 1090 140 346 10 6 44 13.8 26 0.22
KL32-06 230.1 233 0.0151 151 0.33 4.1 1770 500 48 100 4 3 9.4 6.3 30 0.1
KL32-06 233 236.3 0.045 450 0.58 5.5 3400 690 110 104 6 7 15.3 10.0 28 0.34
KL32-06 236.3 239 0.0198 198 0.3 6.8 3600 1010 75 106 6 2 13.2 8.3 27 0.32
KL32-06 239 242 0.061 610 0.65 14.7 5100 2400 120 270 16 4 45 18.3 28 0.34
KL32-06 242 245.1 0.22 2200 1.04 83 37100 12500 500 546 33 25 116 33.0 61 0.84
KL32-06 245.1 248.5 0.23 2300 0.7 32.6 12900 1870 440 236 15 21 352 17.5 32 0.33
KL32-06 248.5 251.1 0.7 7000 0.72 118 22100 6300 1980 220 30 20 1375 16.8 48 0.56
KL32-06 251.1 253.2 0.046 460 0.27 2.1 2600 630 130 37 3 6 33 5.8 31 0.1
KL32-06 253.2 255.4 2.35 23500 2.49 34 49000 2500 2900 2750 101 110 530 61.5 61 0.4
KL32-06 255.4 258.4 0.065 650 0.82 2.5 3300 500 220 186 8 12 30 15.5 36 0.27
KL32-06 258.4 261.2 0.041 410 0.62 2.2 2100 400 150 60 5 6 9.4 8.5 21 0.18
KL32-06 261.2 263.8 0.35 3500 0.66 56 12200 3600 980 166 22 13 630 19.5 37 0.51
KL32-06 263.8 265 1.08 10800 2.77 13.3 11300 420 2010 419 8 51 13.8 31.9 77 1.76
KL32-06 265 268 0.251 2510 1.75 3.4 4900 470 380 156 3 16 9.2 18.5 31 1.84
KL32-06 268 271 0.34 3400 3.16 6.4 8400 267 350 195 4 21 6.8 17.5 32 3.29
KL32-06 271 274 0.394 3940 1.93 6.4 4300 1200 340 146 5 19 10.4 25.0 34 2.25
KL32-06 274 277 0.478 4780 1.89 9.4 4800 1600 520 158 20 19 17.8 25.4 40 1.7
KL32-06 277 280 0.111 1110 0.77 9.5 3100 1030 420 210 32 8 35 30.1 32 0.77
KL32-06 280 283 2.16 21600 1.67 31 8600 5800 660 173 4 54 46 48.0 43 0.95
KL32-06 283 286 0.7 7000 0.81 40 18500 21600 320 254 34 21 36 54.0 67 0.74
KL32-06 286 289 0.207 2070 1.91 22.1 13700 13600 200 167 6 11 35 53.0 35 1.54
KL32-06 289 292 0.057 570 0.83 12.7 6200 3100 130 103 10 6 26 52.0 32 0.28
KL32-06 292 295 0.166 1660 0.84 14.5 6900 3600 320 128 10 9 78 54.0 33 0.26
KL32-06 295 298.8 0.207 2070 0.62 11.8 5000 2800 390 126 9 10 125 29.5 29 0.23
KL32-06 298.8 301 0.0277 277 0.23 3.2 1930 1210 83 75 3 0.01 15.9 8.5 25 0.01
KL32-06 301 303.9 0.044 440 0.14 3.6 2000 1030 120 62 3 2 60 7.0 27 0.01
KL32-06 303.9 307 0.055 550 0.35 5.1 2500 1090 170 71 4 3 70 8.3 25 0.01
KL32-06 307 310 0.0188 188 0.4 3.5 1120 670 61 67 3 0.01 10.8 6.5 24 0.01
KL32-06 310 312.7 0.0141 141 0.18 1.6 580 162 35 74 3 2 5.4 3.3 23 0.01
KL32-06 312.7 316.1 0.107 1070 0.39 9.7 3300 1090 300 336 6 8 68 22.2 32 0.15
KL32-06 316.1 318.5 0.22 2200 1.27 23.4 5800 2300 540 384 18 17 95 49.0 37 0.22
KL32-06 318.5 321.6 0.0189 189 0.34 5.7 2570 1760 84 57 7 3 14.6 38.5 31 0.01
KL32-06 321.6 324.7 0.0256 256 0.47 7.1 5400 1720 78 86 8 4 14 35.0 37 0.11
KL32-06 324.7 327.7 0.0281 281 0.46 5.9 6700 1450 91 92 10 5 11.3 26.5 49 0.12
KL32-06 327.7 330.6 0.0092 92 0.16 2.1 810 327 39 37 4 3 5.7 12.0 30 0.01
KL32-06 330.6 333.6 0.0081 81 0.24 2.3 1070 242 35 39 5 3 3.7 18.5 30 0.01
KL32-06 333.6 336.6 0.0161 161 0.3 4 1700 1200 58 51 5 2 8.9 23.5 30 0.1
KL32-06 336.6 339.6 0.052 520 0.08 1.2 1010 145 28 224 5 4 5.2 7.3 30 0.01
KL32-06 339.6 342.6 0.0317 317 0.16 1.6 1230 158 28 146 5 4 5 13.5 27 0.01
KL32-06 342.6 345 0.0341 341 0.07 1 660 149 22 227 3 6 2.7 8.8 33 0.01
KL32-06 345 347.5 0.0192 192 0.05 0.01 610 74 15 136 3 3 2.3 8.8 18 0.01
KL32-06 347.5 349 0.0161 161 0.05 1.2 1430 150 50 78 32 2 3.4 21.5 18 0.01
KL32-06 349 352 0.0081 81 0.27 0.8 371 149 32 31 12 3 2.8 19.2 21 0.1
KL32-06 352 355 0.007 70 0.33 0.6 284 132 30 26 7 3 3.6 15.0 20 0.12
KL32-06 355 358 0.0083 83 0.29 1.6 650 540 160 41 2 2 6 14.5 33 0.16
KL32-06 358 361 0.0077 77 0.24 2.5 700 700 140 43 2 5 9.9 14.3 36 0.18
KL32-06 361 364 0.005 50 0.47 3.9 820 850 120 18 0.01 3 16.8 16.0 43 0.33
KL32-06 364 367 0.006 60 0.46 4.3 1020 920 110 19 1 3 11.9 16.9 43 0.37
KL32-06 367 370 0.0032 32 0.63 1.3 314 258 40 7 0.01 2 11.9 9.8 29 0.25



Appendix V - 217 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-06 370 373 0.0048 48 0.35 1.7 341 351 69 28 1 4 13.5 11.0 38 0.27
KL32-06 373 376 0.0036 36 0.25 1.5 178 130 45 8 0.01 6 7.4 5.3 21 0.15
KL32-06 376 379 0.0071 71 0.21 1.4 277 248 34 7 0.01 6 4.8 4.5 24 0.17
KL32-06 379 382 0.0032 32 0.37 0.9 279 187 31 6 0.01 5 7.2 5.0 28 0.11
KL32-06 382 385 0.0124 124 0.56 2.3 530 289 64 15 0.01 3 15.5 10.0 29 0.15
KL32-06 385 388 0.0103 103 0.21 3.2 660 630 63 15 3 5 5.8 7.8 32 0.1
KL32-06 388 391 0.0042 42 0.15 1.6 231 166 22 5 0.01 0.01 1.3 4.8 25 0.01
KL32-06 391 394 0.0093 93 0.49 7 660 510 65 8 1 0.01 11.7 17.8 36 0.11
KL32-06 394 397 0.0035 35 0.2 1.9 207 163 33 6 0.01 0.01 3.1 7.8 28 0.01
KL32-06 397 400 0.058 580 0.44 5.9 2190 750 170 74 6 3 53 10.0 29 0.2
KL32-06 400 403 0.0026 26 0.24 1.2 291 281 30 8 0.01 0.01 2.7 6.2 27 0.1
KL32-06 403 406 0.0104 104 0.46 7.5 750 460 87 8 0.01 0.01 16.3 17.5 34 0.18
KL32-06 406 409 0.0306 306 0.26 15.6 6600 2700 40 41 15 0.01 17.4 14.0 30 0.27
KL32-06 409 412 0.002 20 0.34 0.6 243 153 24 3 1 0.01 4.9 5.3 30 0.1
KL32-06 412 415 0.0027 27 0.42 1.1 240 167 17 5 0.01 0.01 7.6 4.3 28 0.01
KL32-06 415 418 0.061 610 0.64 15.4 6400 7800 100 57 4 4 18.8 36.5 35 0.45
KL32-06 418 421 0.0055 55 0.35 1 365 334 22 5 0.01 0.01 10.6 4.8 25 0.1
KL32-06 421 424 0.0135 135 0.4 1.9 920 910 32 8 1 0.01 9.6 7.8 27 0.11
KL32-06 424 427 0.0068 68 0.36 1.7 600 292 32 76 1 4 6.7 12.5 34 0.01
KL32-06 427 430 0.0027 27 0.25 1.5 367 269 19 3 0.01 0.01 6 6.3 29 0.01
KL32-06 430 433 0.0038 38 0.2 1.3 345 178 21 25 0.01 0.01 5.7 3.8 26 0.01
KL32-06 433 435.7 0.0021 21 0.23 1.6 274 255 20 2 0.01 3 3.8 5.8 24 0.01
KL32-07 0 2 0.0014 14 0.04 0.01 194 66 7 4 0.01 0.01 1.1 1.2 28 0.01
KL32-07 2 5.3 0.0014 14 0.01 0.01 105 50 5 3 0.01 0.01 0.5 1.0 31 0.01
KL32-07 5.3 7.5 0.0009 9 0.01 0.8 169 98 6 2 0.01 0.01 0.7 1.1 34 0.01
KL32-07 7.5 10.5 0.0029 29 0.02 0.7 165 93 14 3 3 0.01 0.6 2.0 31 0.01
KL32-07 10.5 13.5 0.0034 34 0.01 0.9 420 325 13 3 1 0.01 0.6 1.9 24 0.01
KL32-07 13.5 16.5 0.0019 19 0.02 0.01 122 45 6 0.01 0.01 0.01 1.3 0.6 18 0.01
KL32-07 16.5 19.5 0.0016 16 0.02 0.8 234 87 9 3 1 0.01 0.6 1.9 25 0.01
KL32-07 19.5 22.5 0.0055 55 0.03 0.01 158 67 5 3 0.01 0.01 0.5 1.2 16 0.01
KL32-07 22.5 23.6 0.0063 63 0.11 0.9 309 130 8 3 0.01 0.01 0.7 3.5 20 0.01
KL32-07 23.6 26.3 0.0019 19 0.04 1.3 670 294 14 3 0.01 0.01 0.8 5.5 17 0.01
KL32-07 26.3 28.5 0.003 30 0.06 1.2 375 336 25 7 0.01 0.01 2.3 3.0 27 0.01
KL32-07 28.5 31.5 0.0034 34 0.06 1.8 279 1200 20 6 0.01 0.01 1.6 1.5 28 0.01
KL32-07 31.5 34.5 0.0057 57 0.28 3.3 520 1680 23 8 6 0.01 2.2 4.8 30 0.01
KL32-07 34.5 37.5 0.01 100 0.09 9 1670 5500 28 22 23 0.01 5 18.3 18 0.01
KL32-07 37.5 40.5 0.0208 208 0.18 23.8 2900 3920 32 16 64 0.01 2.7 47.0 24 0.01
KL32-07 40.5 43.5 0.0017 17 0.01 1.2 236 1120 16 9 1 0.01 1.3 2.2 18 0.01
KL32-07 43.5 46.5 0.0058 58 0.04 3.3 520 780 31 13 6 0.01 2.7 2.0 22 0.01
KL32-07 46.5 49.5 0.0092 92 0.26 9.1 2140 3320 60 8 1 0.01 18.7 12.5 21 0.01
KL32-07 49.5 52.5 0.0348 348 0.23 10.1 1980 1810 130 16 30 0.01 50 7.3 25 0.01
KL32-07 52.5 55.5 0.0015 15 0.1 0.7 228 460 27 0.01 0.01 0.01 9 2.8 21 0.01
KL32-07 55.5 58.5 0.0041 41 0.06 1.4 1070 860 33 6 0.01 0.01 2.6 4.5 24 0.01
KL32-07 58.5 61.5 0.0044 44 0.23 1.7 366 340 81 8 3 0.01 6.8 7.0 34 0.14
KL32-07 61.5 64.5 0.005 50 0.44 1.5 314 314 85 9 5 0.01 3.2 6.0 27 0.1
KL32-07 64.5 67.5 0.0035 35 0.51 2.7 558 460 73 4 5 0.01 4.6 2.3 30 0.39
KL32-07 67.5 70.5 0.004 40 0.64 2.3 281 268 90 10 4 0.01 4.2 5.0 28 0.61
KL32-07 70.5 73.5 0.0062 62 0.5 1.8 470 238 42 38 7 0.01 2.5 3.7 33 0.43
KL32-07 73.5 75 0.0101 101 0.1 2.5 644 680 80 32 9 0.01 3.1 2.5 24 0.01
KL32-07 75 78 0.057 570 0.54 10.9 10300 7400 160 75 7 3 24 23.3 110 0.56
KL32-07 78 81 0.74 7400 1.29 2.4 212 65 5 12 0.01 15 0.01 3.5 107 0.01
KL32-07 81 84.2 0.102 1020 0.59 9.8 12000 3200 710 28 7 8 43 22.8 72 0.89
KL32-07 84.2 89.3 0.0361 361 0.21 4.3 1880 1450 120 27 6 3 9.8 9.8 79 0.16
KL32-07 89.3 91.3 0.0223 223 0.48 2.8 325 260 130 33 2 0.01 8.6 5.3 99 0.39
KL32-07 91.3 94.5 0.051 510 0.62 6.8 6000 1330 190 17 14 2 18 12.8 154 0.59
KL32-07 94.5 97.5 1.58 15800 0.23 43 4650 2000 4200 8 32 0.01 167 2.5 120 0.93
KL32-07 97.5 100.5 0.095 950 0.2 7.8 4500 1710 290 9 13 2 14.8 5.5 182 0.22
KL32-07 100.5 103.5 0.011 110 0.52 5.2 8300 3600 110 10 8 0.01 9.3 17.0 112 0.41
KL32-07 103.5 106.5 0.0174 174 0.25 14 3830 5900 120 18 40 0.01 7.5 14.0 103 0.27
KL32-07 106.5 109.5 0.0044 44 0.33 2.4 2290 570 100 18 3 0.01 4.3 6.8 99 0.36
KL32-07 109.5 112.5 0.0118 118 0.12 2.3 3300 970 65 7 10 0.01 4.5 1.8 52 0.1
KL32-07 112.5 115.5 0.0049 49 0.04 1.1 147 78 37 21 5 3 1.9 3.0 91 0.01
KL32-07 115.5 118.5 0.0325 325 0.03 1.2 94 148 58 67 6 5 7.8 1.8 69 0.01



Appendix V - 218 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-07 118.5 121.5 0.197 1970 0.18 3.2 159 175 160 82 23 15 6.5 8.3 45 0.01
KL32-07 121.5 124.5 0.028 280 0.07 1.6 174 214 110 17 41 9 6.2 5.0 21 0.01
KL32-07 124.5 127.5 0.0138 138 0.07 2.7 730 392 93 7 32 2 2.7 3.8 22 0.01
KL32-07 127.5 128.35 0.0075 75 0.03 9.7 2530 880 17 129 24 0.01 0.7 9.0 21 0.01
KL32-07 128.35 129.4 0.75 7500 0.2 192 35600 22400 1810 162 600 20 44 90.0 75 0.65
KL32-07 129.4 130.5 0.123 1230 0.04 37 47100 31900 100 35 28 0.01 30 26.0 26 0.22
KL32-07 130.5 133.5 0.4 4000 0.15 93 132000 74900 390 178 70 0.01 80 76.0 50 0.46
KL32-07 133.5 135.2 0.055 550 0.06 26.7 18000 19200 47 25 26 0.01 13.7 23.9 20 0.24
KL32-07 135.2 137.8 0.32 3200 0.29 181 141000 143000 360 24 59 0.01 143 105.5 61 0.97
KL32-07 137.8 140.6 0.0244 244 0.05 23.8 10700 7200 38 31 26 0.01 6.1 16.0 19 0.16
KL32-07 140.6 142 0.104 1040 0.27 78 42200 37000 210 23 71 0.01 35 63.0 53 0.58
KL32-07 142 144.2 0.21 2100 0.35 95 74200 55700 320 12 94 0.01 45 60.0 52 0.73
KL32-07 144.2 147.7 0.04 400 0.06 32.5 29300 18200 52 11 30 0.01 12.8 11.0 21 0.19
KL32-07 147.7 148.5 0.0064 64 0.04 12.7 620 2400 18 17 22 0.01 1 5.3 18 0.01
KL32-07 148.5 151.5 0.0174 174 0.03 13.2 5920 4840 33 17 20 0.01 2.5 6.3 21 0.01
KL32-07 151.5 154.5 0.0409 409 0.04 27.8 10500 5100 60 117 46 0.01 7.5 23.0 19 0.01
KL32-07 154.5 157.5 0.0054 54 0.03 4.3 353 352 10 116 25 0.01 0.5 5.0 23 0.01
KL32-07 157.5 160.3 0.056 560 0.08 38 6400 6300 100 107 113 0.01 8.1 15.8 37 0.16
KL32-07 160.3 163.3 0.0035 35 0.02 12.7 710 1170 17 24 32 0.01 0.3 6.0 24 0.01
KL32-07 163.3 166.3 0.0056 56 0.05 6.4 800 1160 23 19 14 0.01 0.7 4.8 23 0.01
KL32-07 166.3 169.4 0.0142 142 0.03 8.1 6920 3500 31 6 14 0.01 3 11.0 25 0.01
KL32-07 169.4 172 0.0063 63 0.02 7 1160 830 17 8 13 0.01 0.5 3.8 24 0.01
KL32-07 172 175.5 0.0105 105 0.02 10.4 2980 1420 22 4 23 0.01 0.9 4.5 23 0.01
KL32-07 175.5 178.2 0.027 270 0.07 26.7 17800 13700 120 6 38 0.01 16.1 12.0 26 0.16
KL32-07 178.2 181.5 0.0051 51 0.02 3.1 1680 740 17 10 8 0.01 1.1 2.5 25 0.01
KL32-07 181.5 182.9 0.003 30 0.03 0.8 270 202 12 8 1 0.01 0.3 1.0 24 0.01
KL32-07 182.9 184.5 0.0078 78 0.04 1.9 1080 700 44 10 2 0.01 2.3 1.3 33 0.01
KL32-07 184.5 187.9 0.013 130 0.01 3.2 1510 2310 21 21 0.01 0.01 3.7 1.8 23 0.01
KL32-07 187.9 190.5 0.0094 94 0.02 6 2500 3800 33 13 0.01 0.01 5 2.8 22 0.01
KL32-07 190.5 193.5 0.0123 123 0.32 16.8 5250 9400 3000 8 4 0.01 60 14.3 17 1.05
KL32-07 193.5 196.5 0.0154 154 0.08 7.2 3660 5700 58 9 10 0.01 4.2 11.0 23 0.01
KL32-07 196.5 199.5 0.009 90 0.01 2.4 3150 2830 35 65 0.01 0.01 2.6 3.5 20 0.01
KL32-07 199.5 201 0.0091 91 0.01 4.5 1260 6200 28 28 2 0.01 3.7 12.3 19 0.01
KL32-07 201 204 0.0085 85 0.01 5.5 2960 5200 17 7 1 0.01 4.1 8.5 15 0.01
KL32-07 204 207 0.0027 27 0.01 2 1310 2610 7 5 1 0.01 2.2 2.5 14 0.01
KL32-07 207 210 0.0055 55 0.03 2.7 930 970 9 7 6 0.01 1.5 4.3 14 0.01
KL32-07 210 213 0.0048 48 0.01 1.8 1200 1310 14 6 3 0.01 1 2.3 12 0.01
KL32-07 213 216 0.0133 133 0.01 11.2 4700 12300 11 14 5 0.01 16.1 11.0 15 0.01
KL32-07 216 218.9 0.0055 55 0.01 3.3 7300 3500 10 8 2 0.01 2.2 9.3 16 0.01
KL32-07 218.9 222 0.0057 57 0.05 4.4 3230 3120 34 16 7 0.01 3 8.5 18 0.1
KL32-07 222 225 0.0184 184 0.04 57 20500 60000 32 8 7 0.01 50 29.5 15 0.11
KL32-07 225 228 0.0032 32 0.02 1 543 650 6 10 2 0.01 2.2 2.3 16 0.01
KL32-07 228 230.2 0.0024 24 0.04 1.8 1290 1280 7 3 0.01 0.01 2.8 3.5 16 0.01
KL32-07 230.2 231.7 0.0052 52 0.01 3.3 2200 3840 12 2 2 0.01 2.9 7.0 11 0.01
KL32-07 231.7 234.2 0.0053 53 0.12 4 4730 2840 40 4 4 0.01 5.1 10.5 12 0.33
KL32-07 234.2 237.3 0.0143 143 0.15 7.2 11700 3200 47 6 5 0.01 7.2 10.0 14 1.14
KL32-07 237.3 239.9 0.0034 34 0.03 0.01 780 480 9 7 2 0.01 1 1.9 16 0.01
KL32-07 239.9 242.9 0.001 10 0.03 0.6 375 343 9 2 0.01 0.01 0.8 1.1 13 0.01
KL32-07 242.9 244.5 0.0018 18 0.02 1.4 660 960 8 6 0.01 0.01 0.01 2.3 15 0.01
KL32-07 244.5 247.5 0.0014 14 0.02 1.2 780 930 6 4 0.01 0.01 1.3 1.5 12 0.01
KL32-07 247.5 250.5 0.001 10 0.01 0.6 265 279 5 5 0.01 0.01 0.01 1.4 15 0.01
KL32-07 250.5 253.5 0.0166 166 0.08 6.4 4440 7900 26 13 2 0.01 5 8.6 13 0.01
KL32-07 253.5 256.5 0.0054 54 0.04 1.8 990 1420 14 11 1 0.01 2.8 2.7 16 0.01
KL32-07 256.5 259.5 0.0095 95 0.16 0.9 394 540 48 21 0.01 0.01 0.01 3.3 27 0.01
KL32-07 259.5 262.5 0.0034 34 0.05 1.2 352 500 16 10 2 0.01 1 3.5 19 0.01
KL32-07 262.5 265.5 0.0035 35 0.04 1.7 910 750 13 8 4 0.01 1.2 4.0 16 0.01
KL32-07 265.5 268.5 0.0143 143 0.08 3.5 1970 2780 27 19 4 0.01 1.7 7.4 15 0.01
KL32-07 268.5 271.5 0.0059 59 0.02 1.2 480 520 12 9 2 0.01 1 3.3 17 0.01
KL32-07 271.5 274 0.0061 61 0.02 1.4 490 510 13 8 2 0.01 1.3 3.0 18 0.01
KL32-07 274 276.8 0.0145 145 0.03 2.2 1030 640 19 6 4 0.01 4.7 5.0 17 0.01
KL32-07 276.8 279 0.004 40 0.02 1.1 229 281 13 14 2 0.01 1.8 3.3 16 0.01
KL32-07 279 282 0.0147 147 0.11 2.7 3290 930 27 18 4 2 2.7 6.5 17 0.3
KL32-07 282 285 0.0049 49 0.03 0.7 382 210 12 13 2 0.01 1 2.3 14 0.01



Appendix V - 219 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-07 285 288 0.0271 271 0.1 1.5 315 146 29 18 3 0.01 1.7 2.8 22 0.01
KL32-07 288 289.5 0.341 3410 0.39 9.1 3960 550 33 57 25 12 1.7 8.4 18 0.01
KL32-07 289.5 292.5 1.06 10600 0.21 7.8 1210 620 18 1300 23 25 1.6 13.3 83 0.01
KL32-07 292.5 294.7 0.095 950 0.05 2.1 344 154 10 990 5 7 2.1 3.0 74 0.01
KL32-07 294.7 297 0.0254 254 0.02 1.4 159 80 5 1440 7 0.01 0.5 3.3 42 0.01
KL32-07 297 300 0.59 5900 0.21 17.8 19900 1360 54 362 41 45 1.8 18.0 21 0.01
KL32-07 300 301.2 0.62 6200 0.18 30.1 18400 1720 49 56 109 46 0.8 21.0 33 0.01
KL32-07 301.2 303.2 0.86 8600 0.99 15.2 4400 700 35 32 45 50 2.3 14.5 18 0.01
KL32-07 303.2 306 0.91 9100 0.32 37 13400 1490 86 205 240 71 3.1 24.0 50 0.01
KL32-07 306 309 0.185 1850 0.08 4.2 920 206 51 419 139 6 0.6 7.8 27 0.01
KL32-07 309 312 0.17 1700 0.05 3.5 1170 162 51 98 63 7 0.9 5.0 22 0.01
KL32-07 312 315 0.146 1460 0.15 3.4 1990 118 37 35 54 10 0.9 5.0 15 0.01
KL32-07 315 316.8 1.18 11800 1.17 22.5 1320 570 220 205 20 86 4.8 28.0 18 0.01
KL32-07 316.8 319.5 0.56 5600 0.15 5.4 9100 108 40 12 15 41 1.2 17.0 19 0.01
KL32-07 319.5 322.5 0.0396 396 0.08 1.1 304 21 18 660 6 6 0.6 4.4 12 0.01
KL32-07 322.5 325.5 0.046 460 0.16 1.7 740 57 18 520 4 7 0.9 11.0 16 0.01
KL32-07 325.5 328.5 0.77 7700 3.84 7.8 1050 256 73 390 14 59 2.2 25.8 35 0.01
KL32-07 328.5 331.5 1.41 14100 1.64 12 1130 47 38 12 55 84 2.3 45.0 58 0.01
KL32-07 331.5 334.5 1.27 12700 1.6 6.6 18400 47 39 7 65 52 1.3 41.5 28 0.01
KL32-07 334.5 336.4 1.68 16800 1.56 6.8 420 53 23 9 7 47 1.4 44.0 26 0.01
KL32-07 336.4 339.2 2.32 23200 1.64 7.3 450 41 30 12 7 43 1.1 28.0 49 0.01
KL32-07 339.2 342 3.48 34800 3.2 5.3 740 26 3 10 5 42 0.3 49.0 30 0.01
KL32-07 342 345 3.38 33800 4.87 5.7 710 19 2 4 4 45 0.3 37.0 26 0.01
KL32-07 345 348 5.6 56000 17.2 11.4 610 36 64 7 5 50 0.5 32.5 40 0.01
KL32-07 348 349.5 2.09 20900 2.12 8.4 146 11 9 9 1 60 0.2 17.0 81 0.01
KL32-07 349.5 352.5 1.29 12900 0.53 4.1 1580 2200 12 87 1 31 0.9 16.5 98 0.16
KL32-07 352.5 354 2.41 24100 0.76 5.8 960 1500 8 72 0.01 39 0.7 14.0 86 0.01
KL32-07 354 355.9 4.06 40600 0.93 10.9 397 144 41 86 5 54 3.9 20.0 95 0.12
KL32-07 355.9 357.7 2.65 26500 0.52 12 1420 730 130 110 0.01 21 25 30.0 105 0.46
KL32-07 357.7 360 2.16 21600 0.43 6 112 88 36 120 0.01 41 1.8 13.0 79 0.01
KL32-07 360 363 1.14 11400 0.43 1.7 191 40 7 82 0.01 22 0.6 8.5 86 0.01
KL32-07 363 366 1.03 10300 0.37 2.3 116 128 7 159 0.01 41 0.9 9.7 83 0.01
KL32-07 366 369 1.82 18200 0.63 3 186 142 5 168 0.01 55 0.9 15.0 84 0.01
KL32-07 369 372 2.04 20400 0.69 3.5 120 21 4 258 0.01 72 0.4 13.0 71 0.01
KL32-07 372 375 2 20000 0.55 4.5 89 17 2 94 0.01 80 0.2 17.0 67 0.01
KL32-07 375 378 1.46 14600 0.49 6.4 141 48 4 88 0.01 47 0.2 14.0 92 0.01
KL32-07 378 381 0.83 8300 0.37 5.2 104 11 10 34 2 12 0.01 7.8 93 0.01
KL32-07 381 384 1.11 11100 0.59 4.9 640 180 7 38 4 31 0.7 10.5 86 0.01
KL32-07 384 386 1.06 10600 0.57 2.7 58 18 4 153 0.01 22 0.4 9.5 95 0.01
KL32-07 386 387.9 1.31 13100 0.7 3.8 134 34 6 62 2 21 0.3 8.0 107 0.01
KL32-07 387.9 390 0.9 9000 0.61 2.4 208 41 5 10 2 11 0.3 8.0 86 0.01
KL32-07 390 393 0.93 9300 0.44 1.7 71 20 3 13 0.01 9 0.4 6.3 81 0.01
KL32-07 393 396 0.415 4150 0.19 1.9 520 70 18 39 2 13 0.8 8.0 61 0.01
KL32-07 396 399 0.79 7900 0.36 3.4 104 31 4 20 1 11 0.4 7.3 119 0.01
KL32-07 399 402 0.72 7200 0.27 2.3 70 20 4 42 1 10 0.2 6.3 82 0.01
KL32-07 402 405 0.985 9850 0.27 2.7 135 43 9 52 0.01 14 0.7 5.5 83 0.01
KL32-07 405 408 0.79 7900 0.28 2.1 970 48 6 84 4 12 0.3 6.3 76 0.01
KL32-07 408 411 0.84 8400 0.34 1.8 81 16 3 50 0.01 14 0.4 4.1 84 0.01
KL32-07 411 414 0.81 8100 0.35 1.2 58 10 2 71 0.01 10 0.8 6.3 75 0.01
KL32-07 414 416.4 1.6 16000 0.49 8.8 181 80 12 25 6 7 0.8 8.5 62 0.01
KL32-07 416.4 418.6 0.72 7200 0.37 1.5 249 38 4 22 1 11 0.7 6.3 77 0.01
KL32-07 418.6 420 1.59 15900 0.69 3.7 79 22 2 22 0.01 12 0.4 5.5 81 0.01
KL32-07 420 423 2.39 23900 1.02 10.4 1410 540 46 28 15 18 60 7.5 48 0.36
KL32-07 423 426 1.22 12200 0.51 5.5 151 24 7 65 8 18 2.7 8.0 65 0.01
KL32-07 426 428.1 0.94 9400 0.17 3.3 224 127 13 48 2 10 2 4.3 223 0.01
KL32-07 428.1 430.2 1.67 16700 0.51 2.5 97 37 4 43 1 12 0.7 6.5 112 0.01
KL32-07 430.2 432 0.486 4860 0.18 1.3 88 115 32 21 1 6 4.6 6.0 37 0.01
KL32-07 432 435 0.499 4990 0.16 1.3 113 90 24 100 2 3 12.6 5.0 29 0.01
KL32-07 435 438 0.464 4640 0.11 1.7 140 108 14 25 3 4 2.1 5.3 44 0.01
KL32-07 438 441 0.87 8700 0.41 1.6 126 73 19 129 1 6 5.5 6.8 50 0.01
KL32-07 441 444 1.28 12800 0.8 1.9 64 24 9 285 1 10 2.5 10.0 65 0.01
KL32-07 444 447 0.94 9400 0.4 2.4 163 89 6 32 1 8 1.7 5.8 53 0.01
KL32-07 447 450 1.12 11200 0.45 3 2560 730 10 40 2 7 5 6.0 164 0.26



Appendix V - 220 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-07 450 453 1.13 11300 0.42 4.4 258 109 230 12 5 6 4.8 7.0 195 0.01
KL32-07 453 456 0.75 7500 0.35 3.3 112 78 150 32 3 5 2.2 4.8 135 0.01
KL32-07 456 459 0.66 6600 0.25 1.7 240 680 23 12 4 2 0.8 5.3 62 0.01
KL32-07 459 462 0.72 7200 0.34 2 67 67 160 11 3 0.01 1.4 4.8 37 0.01
KL32-07 462 465 0.82 8200 0.41 2 57 68 140 14 3 3 5.1 5.3 48 0.01
KL32-07 465 468 0.527 5270 0.32 1.4 46 121 130 24 2 4 1 5.8 38 0.01
KL32-07 468 471 0.82 8200 0.27 1.7 50 68 530 22 4 3 4.3 4.8 45 0.01
KL32-07 471 473.2 0.324 3240 0.11 1.6 166 174 250 74 2 3 3.5 2.3 31 0.01
KL32-07 473.2 476.2 0.432 4320 0.16 2.6 121 87 110 41 4 4 32 3.0 36 0.01
KL32-07 476.2 479.2 0.331 3310 0.18 1.1 62 67 61 24 2 2 4.6 2.0 42 0.01
KL32-07 479.2 483 0.54 5400 0.35 2.1 31 176 300 25 4 3 1.4 2.5 43 0.01
KL32-07 483 486 0.378 3780 0.22 1.7 95 80 5 29 2 3 1.1 1.5 49 0.01
KL32-07 486 489 0.448 4480 0.27 1.9 93 191 21 32 3 4 1.3 2.0 44 0.01
KL32-07 489 492 1.07 10700 0.55 4.1 71 50 13 151 3 6 0.7 7.0 66 0.01
KL32-07 492 494.5 0.75 7500 0.47 2.6 790 3200 13 20 4 4 1.4 2.0 62 0.01
KL32-07 494.5 496.4 0.65 6500 0.57 1.5 49 36 3 18 2 6 0.3 1.5 50 0.01
KL32-07 496.4 498 0.92 9200 0.66 2.7 50 32 6 63 2 5 0.5 2.8 61 0.01
KL32-07 498 501 0.403 4030 0.15 2.7 238 154 10 64 2 6 1.4 6.5 192 0.01
KL32-07 501 504 1.07 10700 0.83 2.3 57 26 3 28 2 3 0.01 4.5 171 0.01
KL32-07 504 507 0.505 5050 0.21 1.8 245 154 16 29 1 3 0.7 4.3 58 0.01
KL32-07 507 510 0.501 5010 0.19 1.5 72 49 8 32 2 3 0.7 3.4 69 0.01
KL32-07 510 513 0.325 3250 0.17 1.1 51 51 2 29 1 2 0.01 3.3 66 0.01
KL32-07 513 516 0.475 4750 0.19 1 66 56 17 33 1 0.01 1.5 5.0 51 0.01
KL32-07 516 519 0.59 5900 0.24 1.5 83 75 28 22 2 4 2.5 5.8 50 0.01
KL32-07 519 522 0.62 6200 0.14 2.2 125 76 23 31 4 4 2.2 3.8 56 0.01
KL32-07 522 525 1.14 11400 0.54 1.6 59 13 7 16 0.01 13 0.8 6.8 57 0.01
KL32-07 525 528 0.59 5900 0.24 1.2 98 75 6 62 1 4 0.8 4.5 49 0.01
KL32-07 528 531 0.54 5400 0.31 1.9 127 104 24 70 1 5 8.5 4.5 41 0.01
KL32-07 531 534 0.58 5800 0.14 1.1 75 37 6 38 0.01 4 1.2 4.3 66 0.01
KL32-07 534 537 0.59 5900 0.15 1.6 124 161 6 36 2 5 5.9 4.3 66 0.01
KL32-07 537 540 0.76 7600 0.21 1.8 209 110 11 60 3 6 11.5 5.9 131 0.01
KL32-07 540 543 0.56 5600 0.22 1.5 110 61 3 35 1 4 0.6 4.8 71 0.01
KL32-07 543 546 0.51 5100 0.2 2.4 127 62 5 81 4 6 1 6.0 56 0.01
KL32-07 546 549 0.515 5150 0.12 2.5 306 178 6 66 3 4 1.2 4.4 61 0.01
KL32-07 549 552 0.53 5300 0.09 1.8 165 115 6 35 2 3 2.4 3.5 58 0.01
KL32-07 552 555 0.369 3690 0.05 1.2 161 110 9 47 1 3 3.9 3.5 62 0.01
KL32-07 555 558 0.409 4090 0.08 1.8 313 145 13 40 2 0.01 2.2 4.0 54 0.01
KL32-07 558 561 0.425 4250 0.07 1.5 228 106 13 29 1 4 2.3 4.8 60 0.01
KL32-07 561 564 0.64 6400 0.19 1.5 227 110 7 43 0.01 5 1.4 5.8 62 0.01
KL32-07 564 567 0.88 8800 0.53 3.2 85 32 4 100 1 8 1.5 5.5 133 0.01
KL32-07 567 570 0.72 7200 0.18 1.6 132 54 5 46 0.01 8 1.9 5.0 67 0.01
KL32-07 570 573 0.52 5200 0.14 1.1 97 55 12 111 0.01 5 3.6 4.8 66 0.01
KL32-07 573 576 0.51 5100 0.11 1.8 152 75 7 37 1 7 3 5.4 61 0.01
KL32-07 576 579 0.73 7300 0.13 1.6 77 41 5 30 0.01 9 1.3 4.3 64 0.01
KL32-07 579 582 0.73 7300 0.15 1.1 60 28 2 24 0.01 8 0.2 4.3 64 0.01
KL32-07 582 585 0.59 5900 0.16 1.3 74 22 3 41 0.01 7 0.3 4.0 66 0.01
KL32-07 585 588 0.79 7900 0.22 1.9 520 218 13 29 0.01 8 3.2 4.5 49 0.01
KL32-07 588 591 0.77 7700 0.22 2.2 326 156 9 91 1 7 1.2 4.0 50 0.01
KL32-07 591 594 0.71 7100 0.18 2.4 119 67 2 51 0.01 8 0.3 3.8 57 0.01
KL32-07 594 597 0.73 7300 0.13 1.4 103 51 4 44 0.01 5 0.7 4.0 68 0.01
KL32-07 597 600 0.23 2300 0.08 0.7 68 46 0.01 17 0.01 0.01 0.01 2.3 68 0.01
KL32-07 600 603 0.359 3590 0.22 0.8 71 37 0.01 20 1 3 0.4 3.0 74 0.01
KL32-07 603 606 0.422 4220 0.18 1.1 94 63 0.01 46 1 4 0.2 3.0 68 0.01
KL32-07 606 609.5 0.412 4120 0.15 1.4 72 46 0.01 35 0.01 5 0.3 3.8 76 0.01
KL32-07 609.5 612 0.487 4870 0.1 1.5 84 45 0.01 46 0.01 7 0.5 3.5 59 0.01
KL32-07 612 615 0.485 4850 0.12 1.7 61 34 1 38 0.01 5 0.4 4.0 70 0.01
KL32-07 615 618 0.44 4400 0.09 1.4 85 44 1 53 0.01 5 1 4.5 86 0.01
KL32-07 618 621 0.366 3660 0.12 1.1 93 53 2 45 0.01 3 0.5 3.8 69 0.01
KL32-07 621 624 0.395 3950 0.09 1.7 77 116 1 36 1 6 0.5 3.5 69 0.01
KL32-07 624 627 0.42 4200 0.09 1.8 98 69 3 39 1 6 2.4 3.7 68 0.01
KL32-07 627 630 0.24 2400 0.02 1.2 48 29 5 69 0.01 4 1.8 2.8 91 0.01
KL32-07 630 633 0.4 4000 0.05 1.4 59 35 1 35 1 5 0.9 3.0 219 0.01
KL32-07 633 636 0.31 3100 0.04 1.1 121 69 7 59 1 5 1.9 3.2 146 0.01



Appendix V - 221 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-07 636 639 0.7 7000 0.5 1 51 36 4 18 2 5 0.2 3.6 208 0.01
KL32-07 639 642 0.32 3200 0.06 0.9 114 92 7 30 0.01 4 1.3 2.0 168 0.01
KL32-07 642 645 0.25 2500 0.03 0.8 143 86 9 34 0.01 3 1.8 2.5 79 0.01
KL32-07 645 648 0.27 2700 0.04 0.6 284 142 12 40 0.01 4 1.5 2.0 75 0.01
KL32-07 648 651 0.26 2600 0.03 0.01 178 87 5 42 0.01 3 1.1 2.8 94 0.01
KL32-07 651 654 0.24 2400 0.03 0.6 104 71 8 37 0.01 3 1 1.7 180 0.01
KL32-07 654 657 0.24 2400 0.05 0.7 68 35 8 49 0.01 5 1.6 2.9 82 0.01
KL32-07 657 660 0.27 2700 0.03 0.6 66 36 15 35 0.01 5 1.2 2.8 89 0.01
KL32-07 660 663 0.28 2800 0.02 0.01 46 30 7 46 0.01 5 0.5 2.5 84 0.01
KL32-07 663 666 0.415 4150 0.06 0.9 79 34 10 25 0.01 4 1 2.0 68 0.01
KL32-07 666 669 0.225 2250 0.02 0.01 87 46 17 37 0.01 2 1.4 2.3 92 0.01
KL32-07 669 672 0.25 2500 0.01 0.5 78 40 10 53 0.01 0.01 1 2.4 99 0.01
KL32-07 672 675 0.34 3400 0.05 1.3 216 85 8 75 0.01 8 1.3 2.4 87 0.01
KL32-07 675 678 0.33 3300 0.04 1.2 357 180 7 67 0.01 5 0.8 2.8 89 0.01
KL32-07 678 681 0.22 2200 0.03 0.6 81 41 4 80 0.01 3 1.1 1.8 91 0.01
KL32-07 681 684 0.173 1730 0.03 0.7 64 41 4 87 1 2 0.8 1.5 71 0.01
KL32-07 684 687 0.23 2300 0.04 0.8 35 24 4 46 0.01 4 1.9 2.6 99 0.01
KL32-07 687 690 0.21 2100 0.05 0.7 34 18 3 52 0.01 3 0.7 2.3 84 0.01
KL32-07 690 693 0.131 1310 0.04 0.01 25 14 2 94 0.01 2 0.4 1.3 176 0.01
KL32-07 693 696 0.2 2000 0.03 0.7 77 50 20 78 0.01 5 4.6 2.3 79 0.01
KL32-07 696 699 0.24 2400 0.05 0.9 85 47 4 60 0.01 6 1.4 3.6 81 0.01
KL32-07 699 702 0.21 2100 0.02 1.3 152 78 7 102 1 2 1.3 2.8 63 0.01
KL32-07 702 705 0.23 2300 0.03 0.01 41 26 11 191 0.01 3 0.8 2.3 70 0.01
KL32-07 705 708 0.34 3400 0.03 0.7 105 67 18 210 0.01 4 2.5 3.4 73 0.01
KL32-07 708 711 0.24 2400 0.01 0.5 58 30 27 167 0.01 4 0.6 3.0 64 0.01
KL32-07 711 714 0.3 3000 0.01 0.9 129 60 7 88 0.01 5 1.3 2.7 74 0.01
KL32-07 714 717 0.27 2700 0.01 0.6 65 34 11 72 0.01 4 0.9 2.4 75 0.01
KL32-07 717 720 0.2 2000 0.02 0.01 134 30 12 43 0.01 6 0.5 1.5 87 0.01
KL32-07 720 723 0.21 2100 0.01 0.01 51 28 3 55 0.01 4 0.7 1.1 46 0.01
KL32-07 723 726 0.19 1900 0.01 0.5 45 26 7 86 0.01 0.01 0.5 2.1 45 0.01
KL32-07 726 729 0.29 2900 0.01 0.01 34 15 3 54 0.01 5 0.3 2.9 58 0.01
KL32-07 729 732 0.203 2030 0.01 0.01 36 18 6 40 0.01 4 0.4 1.3 45 0.01
KL32-07 732 735 0.25 2500 0.05 0.01 42 48 42 25 1 5 0.5 2.4 52 0.01
KL32-07 735 738 0.23 2300 0.03 0.7 54 32 9 59 1 5 0.5 1.7 50 0.01
KL32-07 738 741 0.2 2000 0.01 0.7 48 38 10 23 1 3 0.7 2.7 43 0.01
KL32-07 741 744 0.21 2100 0.01 0.01 40 26 5 27 1 4 0.5 2.6 45 0.01
KL32-07 744 747 0.21 2100 0.01 0.01 54 30 8 60 1 3 0.4 2.4 47 0.01
KL32-07 747 750 0.25 2500 0.02 0.01 43 28 4 40 0.01 5 0.4 1.8 56 0.01
KL32-07 750 753 0.21 2100 0.03 0.6 75 46 4 34 1 4 1 2.0 60 0.01
KL32-07 753 756 0.2 2000 0.03 0.7 115 68 4 53 2 5 0.8 2.9 49 0.01
KL32-07 756 759 0.197 1970 0.02 0.6 50 32 3 31 1 4 0.5 1.8 56 0.01
KL32-07 759 762 0.187 1870 0.02 0.7 73 38 5 26 1 3 0.4 1.9 39 0.01
KL32-07 762 765 0.173 1730 0.03 0.01 58 28 1 27 0.01 5 0.4 1.6 31 0.01
KL32-07 765 768 0.22 2200 0.02 0.01 33 30 22 31 0.01 4 0.4 2.0 40 0.01
KL32-07 768 771 0.2 2000 0.01 0.01 29 17 1 37 0.01 4 0.4 1.5 39 0.01
KL32-07 771 774 0.21 2100 0.01 0.7 37 24 3 74 0.01 0.01 0.6 2.5 35 0.01
KL32-07 774 777 0.152 1520 0.03 0.5 31 24 2 15 1 6 0.3 1.3 33 0.01
KL32-07 777 780 0.2 2000 0.03 0.7 38 21 0.01 20 1 6 0.4 1.8 38 0.01
KL32-07 780 783 0.22 2200 0.03 0.01 36 30 3 17 1 4 0.5 1.7 36 0.01
KL32-07 783 786 0.181 1810 0.03 0.6 43 37 25 20 1 6 0.9 1.5 30 0.01
KL32-07 786 789 0.173 1730 0.03 0.7 33 27 24 22 1 4 0.9 1.6 29 0.01
KL32-07 789 792 0.16 1600 0.03 0.6 30 21 1 18 0.01 5 0.4 1.3 34 0.01
KL32-07 792 795 0.24 2400 0.06 0.01 23 14 0.01 18 0.01 5 0.3 1.6 32 0.01
KL32-07 795 798 0.23 2300 0.08 0.01 27 14 2 13 0.01 5 0.3 1.6 35 0.01
KL32-07 798 801 0.24 2400 0.07 0.7 40 28 11 17 0.01 5 0.5 1.8 37 0.01
KL32-07 801 804 0.28 2800 0.07 0.7 39 25 2 19 0.01 5 0.5 1.7 38 0.01
KL32-07 804 807 0.179 1790 0.02 0.01 27 15 2 32 0.01 3 0.4 1.8 33 0.01
KL32-07 807 810 0.24 2400 0.05 0.8 65 20 3 25 0.01 6 0.3 2.1 43 0.01
KL32-07 810 813 0.154 1540 0.01 0.01 38 17 2 23 0.01 5 0.4 1.1 28 0.01
KL32-07 813 816 0.179 1790 0.02 0.01 64 31 3 22 0.01 4 0.4 1.5 30 0.01
KL32-07 816 819 0.23 2300 0.02 0.01 56 27 1 27 0.01 4 0.5 1.6 36 0.01
KL32-08 0 5.5 0.0168 168 0.04 0.01 234 57 12 4 0.01 2 0.7 2.0 23 0.01
KL32-08 5.5 8 0.103 1030 0.02 1 1250 225 25 8 2 8 0.8 4.7 23 0.01



Appendix V - 222 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-08 8 11.4 0.0097 97 0.01 0.01 77 47 3 6 0.01 0.01 0.5 0.5 24 0.01
KL32-08 11.4 14.4 0.0063 63 0.01 0.01 84 41 3 4 0.01 0.01 0.5 0.6 26 0.01
KL32-08 14.4 17.4 0.0054 54 0.01 0.01 170 48 4 3 0.01 0.01 0.3 0.0 25 0.01
KL32-08 17.4 20.5 0.0138 138 0.01 0.01 363 110 5 4 0.01 0.01 0.5 0.0 27 0.01
KL32-08 20.5 23.5 0.0331 331 0.01 0.01 317 244 6 7 0.01 0.01 0.9 0.6 37 0.01
KL32-08 23.5 26.5 0.0125 125 0.01 0.01 216 196 7 5 0.01 0.01 0.4 1.3 29 0.01
KL32-08 26.5 29.5 0.0067 67 0.02 0.01 196 52 6 4 0.01 0.01 0.3 1.1 22 0.01
KL32-08 29.5 32.5 0.0097 97 0.01 0.01 98 47 5 5 0.01 0.01 0.5 0.5 24 0.01
KL32-08 32.5 35.5 0.0056 56 0.01 0.01 162 42 10 4 0.01 0.01 0.4 0.7 22 0.01
KL32-08 35.5 38.2 0.0089 89 0.01 0.01 188 84 12 5 0.01 0.01 0.4 0.0 26 0.01
KL32-08 38.2 41.3 0.0053 53 0.01 0.01 161 61 7 4 0.01 0.01 0.4 0.6 22 0.01
KL32-08 41.3 44.4 0.0063 63 0.01 0.01 130 66 8 4 0.01 0.01 0.3 0.5 17 0.01
KL32-08 44.4 47.5 0.0043 43 0.01 0.01 79 43 10 5 0.01 0.01 0.7 1.0 20 0.01
KL32-08 47.5 50.5 0.0063 63 0.01 0.01 101 45 12 8 0.01 0.01 0.6 1.2 21 0.01
KL32-08 50.5 53.5 0.0052 52 0.02 0.01 79 75 6 2 0.01 0.01 0.4 0.0 16 0.01
KL32-08 53.5 56.5 0.0041 41 0.01 0.01 111 95 11 3 0.01 0.01 0.6 0.0 15 0.01
KL32-08 56.5 61.5 0.0069 69 0.01 0.01 290 94 8 3 0.01 0.01 0.5 0.8 21 0.01
KL32-08 61.5 65.5 0.0037 37 0.01 0.8 88 67 15 4 0.01 0.01 0.7 0.7 28 0.01
KL32-08 65.5 68.5 0.0028 28 0.01 0.8 164 255 11 4 0.01 2 0.6 0.8 26 0.01
KL32-08 68.5 71.5 0.0103 103 0.01 0.01 189 296 7 5 0.01 0.01 1 0.0 18 0.01
KL32-08 71.5 74.5 0.004 40 0.05 2.5 1640 1580 30 45 3 3 1.6 3.4 19 0.01
KL32-08 74.5 77.5 0.045 450 0.08 17.5 22900 23300 68 291 4 5 19 10.8 38 0.23
KL32-08 77.5 80.5 0.0042 42 0.04 1.4 720 1120 15 18 0.01 3 1.2 4.5 28 0.01
KL32-08 80.5 83.5 0.0044 44 0.04 1.2 680 960 19 14 0.01 2 1.7 1.5 23 0.01
KL32-08 83.5 86.5 0.0047 47 0.02 1.3 388 1350 23 7 0.01 3 2.2 1.8 21 0.01
KL32-08 86.5 89.5 0.013 130 0.03 1.8 720 1300 40 26 3 0.01 2.1 3.7 37 0.01
KL32-08 89.5 92.5 0.0085 85 0.04 2.1 1050 790 36 25 7 3 1.2 3.1 33 0.01
KL32-08 92.5 95.5 0.0067 67 0.02 1.2 331 610 22 10 5 2 0.9 2.2 18 0.01
KL32-08 95.5 98 0.0207 207 0.03 3.4 2950 1300 43 39 4 2 2.6 2.1 21 0.01
KL32-08 98 101.5 0.0088 88 0.07 2.4 2510 1290 63 26 7 2 2.8 3.9 21 0.1
KL32-08 101.5 104.5 0.0078 78 0.09 2 2590 1090 45 10 8 3 1.5 2.9 17 0.01
KL32-08 104.5 107.5 0.0092 92 0.02 0.8 540 370 27 7 1 4 0.7 3.3 27 0.01
KL32-08 107.5 110.5 0.0276 276 0.02 2.5 4420 2500 68 76 6 3 4.3 4.5 26 0.01
KL32-08 110.5 113.5 0.0054 54 0.05 1.3 560 345 21 15 3 2 0.8 3.4 18 0.01
KL32-08 113.5 116.5 0.0137 137 0.14 4.9 4520 2050 68 18 19 5 3 5.2 18 0.12
KL32-08 116.5 119.5 0.0066 66 0.05 2.4 1220 480 27 53 6 7 1.2 6.0 16 0.01
KL32-08 119.5 122.5 0.0077 77 0.04 2.1 1390 820 34 38 12 4 1.5 3.7 21 0.01
KL32-08 122.5 125.5 0.0125 125 0.02 1.8 1320 670 45 39 11 7 1.4 3.7 24 0.01
KL32-08 125.5 128.4 0.0146 146 0.06 2.3 2510 1460 70 28 6 2 3.6 4.6 22 0.11
KL32-08 128.4 131.5 0.0078 78 0.03 1.2 650 258 28 16 5 3 1.1 1.9 20 0.14
KL32-08 131.5 134.5 0.0321 321 0.1 10.6 10400 3700 74 74 24 3 4.8 10.5 26 0.12
KL32-08 134.5 137.5 0.0244 244 0.09 7.5 7300 3200 37 45 16 0.01 0.9 4.6 15 0.11
KL32-08 137.5 140.5 0.0293 293 0.03 4.9 2500 1450 48 38 8 2 1.5 2.8 26 0.1
KL32-08 140.5 143.5 0.047 470 0.04 6.7 6900 2700 53 551 14 4 2.2 5.7 32 0.01
KL32-08 143.5 146.5 0.058 580 0.02 3.8 4940 3020 74 104 7 3 2.6 3.8 23 0.01
KL32-08 146.5 149.5 0.056 560 0.05 6 6540 2330 60 78 16 2 1.7 4.3 20 0.1
KL32-08 149.5 152.5 0.078 780 0.05 4.9 8000 3000 42 70 22 2 1.7 10.5 26 0.12
KL32-08 152.5 155.5 0.0272 272 0.04 2.4 4630 2800 30 34 8 3 1.2 6.9 26 0.1
KL32-08 155.5 158.5 0.129 1290 0.07 7.6 12900 1770 44 158 43 5 5.3 20.5 37 0.18
KL32-08 158.5 161.5 0.0198 198 0.02 2.9 3210 1710 27 46 12 2 1.1 5.9 25 0.01
KL32-08 161.5 164.5 0.0117 117 0.02 1.5 1450 530 19 50 20 2 1.3 6.2 22 0.01
KL32-08 164.5 167.5 0.079 790 0.03 1.3 2260 440 23 21 11 11 1.4 7.5 22 0.01
KL32-08 167.5 170.5 1.03 10300 0.13 4 560 246 36 77 7 35 2 19.0 86 0.01
KL32-08 170.5 173.5 0.452 4520 0.1 0.9 235 149 14 43 4 18 0.8 4.4 84 0.01
KL32-08 173.5 176.5 0.266 2660 0.05 0.7 163 241 8 36 3 9 0.4 4.6 84 0.01
KL32-08 176.5 179.5 0.307 3070 0.09 1.1 186 129 22 22 5 10 0.8 6.9 52 0.01
KL32-08 179.5 182.5 0.23 2300 0.05 0.9 129 89 11 540 4 7 1.2 6.8 99 0.01
KL32-08 182.5 185.5 0.152 1520 0.04 0.5 58 54 7 337 2 9 0.3 3.5 129 0.01
KL32-08 185.5 188.5 1.39 13900 0.2 4.1 104 317 14 154 2 8 1 17.0 115 0.01
KL32-08 188.5 191.5 0.61 6100 0.19 4.4 131 279 48 134 17 6 0.9 9.5 59 0.01
KL32-08 191.5 194.5 0.3 3000 0.14 2.7 52 125 16 164 6 7 0.7 5.4 49 0.01
KL32-08 194.5 197.5 0.182 1820 0.03 1.5 54 80 11 133 1 7 0.9 4.7 48 0.01
KL32-08 197.5 200 0.28 2800 0.07 3.4 92 96 15 87 18 6 1 3.2 37 0.01



Appendix V - 223 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-08 200 203 0.426 4260 0.1 6.2 760 340 37 422 5 11 0.8 6.6 101 0.01
KL32-08 203 206 0.498 4980 0.29 5.5 520 259 47 110 6 16 4 7.4 96 0.01
KL32-08 206 209 0.208 2080 0.65 11.8 7700 3700 490 100 2 6 102 10.5 157 0.32
KL32-08 209 212.5 0.145 1450 0.06 1.8 470 147 21 79 3 7 2.4 5.1 96 0.01
KL32-08 212.5 215.5 0.148 1480 0.04 5 1120 870 23 99 4 8 2.1 8.5 115 0.01
KL32-08 215.5 218.5 0.21 2100 0.06 5.6 87 352 7 110 2 12 0.6 5.7 78 0.01
KL32-08 218.5 221.5 0.339 3390 0.14 8.7 109 197 19 78 3 9 1.8 2.9 48 0.01
KL32-08 221.5 224.5 0.096 960 0.07 5.5 66 144 12 131 36 11 1.1 2.4 30 0.01
KL32-08 224.5 226.3 0.29 2900 0.12 6.4 131 155 20 426 2 12 1.4 2.6 45 0.01
KL32-08 226.3 228.5 0.23 2300 0.13 11.8 460 1390 62 107 5 7 3.1 3.5 34 0.01
KL32-08 228.5 230.5 0.15 1500 0.17 11.2 1620 1080 110 136 38 6 2 3.8 34 0.01
KL32-08 230.5 233.5 0.065 650 0.08 2 318 234 37 420 3 15 1.4 3.3 30 0.01
KL32-08 233.5 236.5 0.88 8800 0.51 50 15400 5700 340 750 275 39 82 23.5 59 0.23
KL32-08 236.5 239.5 0.34 3400 0.16 13.5 23200 9100 47 47 24 8 7.5 24.0 23 0.17
KL32-08 239.5 242.5 0.44 4400 0.43 12.1 7200 2400 110 73 16 2 5.3 8.2 20 0.14
KL32-08 242.5 245.5 0.446 4460 0.28 6.8 4830 650 100 17 14 3 6.6 4.2 25 0.15
KL32-08 245.5 248.5 0.24 2400 0.11 7.2 3440 1010 36 46 18 0.01 1.8 3.4 21 0.1
KL32-08 248.5 251.5 0.274 2740 0.09 10.5 3460 2130 29 95 32 2 2.9 3.4 23 0.1
KL32-08 251.5 253.6 0.106 1060 0.04 2.2 3440 295 10 19 4 0.01 0.7 2.9 25 0.01
KL32-08 253.6 256.8 0.151 1510 0.04 7 5600 1540 38 57 126 10 3.5 7.4 23 0.1
KL32-08 256.8 259.9 0.83 8300 0.21 9 2900 1010 190 184 15 27 19.2 11.2 28 0.11
KL32-08 259.9 263 0.62 6200 0.25 9.4 5400 1370 140 139 24 15 5.2 8.8 33 0.13
KL32-08 263 265.8 0.208 2080 0.27 3.9 4070 1030 26 18 4 3 1.2 2.9 23 0.1
KL32-08 265.8 268.8 0.61 6100 0.13 4.2 1990 580 51 39 3 9 2.1 6.4 25 0.01
KL32-08 268.8 271.5 0.0241 241 0.02 0.6 365 56 9 5 2 0.01 0.3 0.9 11 0.01
KL32-08 271.5 274.6 0.07 700 0.07 1.1 4900 470 22 17 7 0.01 0.6 3.6 14 0.01
KL32-08 274.6 277.6 0.116 1160 0.06 1.4 3460 47 14 10 0.01 4 0.2 3.0 14 0.01
KL32-08 277.6 280 0.083 830 0.1 0.9 2750 309 19 22 1 6 0.3 1.8 18 0.01
KL32-08 280 283.1 3.2 32000 3.36 18.7 1430 132 27 34 2 84 0.4 8.0 34 0.01
KL32-08 283.1 286.5 0.408 4080 0.31 3 388 176 22 418 1 13 1.2 1.9 32 0.01
KL32-08 286.5 289.6 1.01 10100 1.05 15.2 2900 206 21 16 4 41 0.8 11.5 38 0.01
KL32-08 289.6 293.5 0.145 1450 0.17 1.1 570 58 7 4 1 7 0.01 2.5 27 0.01
KL32-08 293.5 297.5 0.235 2350 0.27 2.1 4960 80 9 4 6 8 0.3 7.0 24 0.01
KL32-08 297.5 299.5 0.118 1180 0.07 1.3 1180 103 14 19 3 6 0.01 3.5 20 0.01
KL32-08 299.5 302.5 0.0263 263 0.02 0.7 2020 118 10 5 1 5 2.2 2.5 12 0.01
KL32-08 302.5 305.5 0.78 7800 0.85 5.6 2260 140 12 7 1 20 0.5 10.4 20 0.01
KL32-08 305.5 308.5 0.8 8000 0.68 2.9 30100 65 9 20 1 150 1 20.5 26 0.01
KL32-08 308.5 311.5 0.83 8300 0.78 3.2 33700 60 19 41 1 175 2 23.0 25 0.01
KL32-08 311.5 314 0.36 3600 0.45 2.7 13500 170 21 16 4 46 1.7 9.8 32 0.01
KL32-08 314 317 0.45 4500 0.58 2.6 14000 24 23 56 5 90 12.1 9.0 26 0.01
KL32-08 317 320.2 0.73 7300 0.04 2 4500 28 35 16 4 31 1.4 12.0 29 0.01
KL32-08 320.2 323.3 0.91 9100 0.88 1.6 820 27 14 300 1 50 0.8 20.5 26 0.01
KL32-08 323.3 326.4 0.65 6500 0.66 2.1 399 42 11 87 0.01 23 0.5 9.5 23 0.01
KL32-08 326.4 329.5 1.2 12000 0.87 3.5 460 44 16 118 0.01 52 0.01 6.3 29 0.01
KL32-08 329.5 332.5 0.32 3200 0.24 1.8 355 34 15 356 0.01 23 0.01 4.3 20 0.01
KL32-08 332.5 335.5 0.151 1510 0.14 1.3 242 78 18 53 0.01 13 0.7 3.5 21 0.01
KL32-08 335.5 338.5 0.197 1970 0.15 1.2 174 37 5 24 0.01 10 0.7 4.3 9 0.01
KL32-08 338.5 341.8 0.409 4090 0.25 1.7 88 49 3 63 0.01 16 0.4 7.3 14 0.01
KL32-08 341.8 344.5 0.76 7600 0.32 1.8 156 21 16 247 0.01 19 0.01 4.8 15 0.01
KL32-08 344.5 347.5 0.7 7000 0.25 2.3 490 83 18 33 1 24 3.6 6.5 22 0.01
KL32-08 347.5 350.5 0.9 9000 0.37 4.6 430 39 22 120 0.01 48 1.1 6.3 24 0.01
KL32-08 350.5 353.5 0.93 9300 0.44 5.2 700 41 11 31 0.01 32 0.5 6.5 10 0.01
KL32-08 353.5 356.5 2.85 28500 2.04 17.1 1120 28 4 120 0.01 82 0.01 16.0 17 0.01
KL32-08 356.5 359.5 2.43 24300 0.76 6.7 1040 21 9 32 1 45 0.3 13.0 15 0.01
KL32-08 359.5 362.5 5.14 51400 1.2 12.4 800 16 5 18 1 62 0.4 21.2 11 0.01
KL32-08 362.5 365.5 1.83 18300 0.51 4.7 560 19 10 10 0.01 40 0.3 11.0 17 0.01
KL32-08 365.5 368.5 0.62 6200 0.29 2.5 7500 20 28 23 3 38 3.4 5.0 14 0.01
KL32-08 368.5 371.5 0.58 5800 0.38 3.9 5700 19 23 16 4 46 1.3 9.3 12 0.01
KL32-08 371.5 374.5 0.422 4220 0.13 3.4 276 37 20 15 1 19 0.8 5.5 8 0.01
KL32-08 374.5 377.5 0.22 2200 0.18 1.6 570 46 7 125 4 13 0.4 5.0 14 0.01
KL32-08 377.5 380.5 0.69 6900 0.48 5.8 4170 97 20 16 5 49 6.7 12.3 16 0.01
KL32-08 380.5 383.5 0.65 6500 0.54 6.5 4470 19 18 10 7 31 0.3 34.5 14 0.01
KL32-08 383.5 386.5 0.27 2700 0.32 1.8 980 21 10 8 6 49 0.9 10.5 19 0.01



Appendix V - 224 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-08 386.5 389.5 0.425 4250 0.27 2.4 1920 30 17 11 2 34 2.8 8.5 17 0.01
KL32-08 389.5 392.5 0.33 3300 0.12 0.7 265 12 0.01 41 0.01 31 0.01 2.8 9 0.01
KL32-08 392.5 395.5 0.449 4490 0.3 2.2 410 23 28 14 5 16 0.8 30.5 18 0.01
KL32-08 395.5 398.5 1.1 11000 0.38 3.1 254 28 9 116 0.01 46 2.1 9.0 19 0.01
KL32-08 398.5 401.5 0.77 7700 0.47 1.7 159 36 5 14 0.01 38 0.2 7.5 16 0.01
KL32-08 401.5 404.5 0.69 6900 0.26 1.2 143 17 3 9 0.01 23 4.7 4.8 13 0.01
KL32-08 404.5 407.5 0.52 5200 0.37 2.9 17500 69 18 29 2 77 1.4 33.0 15 0.01
KL32-08 407.5 410.5 0.509 5090 0.17 1.5 87 17 4 31 0.01 28 0.01 5.0 6 0.01
KL32-08 410.5 413.5 1 10000 0.37 1.9 131 18 7 33 0.01 42 0.01 6.5 32 0.01
KL32-08 413.5 416.5 0.338 3380 0.15 0.6 121 12 0.01 8 2 47 0.01 2.3 24 0.01
KL32-08 416.5 419.5 0.485 4850 0.2 0.6 112 11 0.01 22 0.01 45 0.01 3.5 19 0.01
KL32-08 419.5 422.5 0.17 1700 0.12 0.5 147 13 0.01 6 0.01 41 0.01 1.5 13 0.01
KL32-08 422.5 425.3 0.26 2600 0.12 0.01 71 11 1 9 0.01 18 0.01 3.3 25 0.01
KL32-08 425.3 428.4 0.76 7600 0.34 0.8 126 25 1 36 0.01 32 0.01 4.3 31 0.01
KL32-08 428.4 431.5 3.06 30600 1.25 3.5 157 19 0.01 6 0.01 42 0.01 17.0 32 0.01
KL32-08 431.5 434.5 1.54 15400 0.78 2 188 19 1 175 0.01 43 0.01 8.0 23 0.01
KL32-08 434.5 437.6 1.06 10600 0.5 1.9 125 27 3 41 0.01 20 0.01 6.6 30 0.01
KL32-08 437.6 441.1 1.68 16800 1.2 2.7 72 14 0.01 6 0.01 34 0.01 11.0 25 0.01
KL32-08 441.1 443.5 1.12 11200 0.41 7 241 68 230 59 1 35 23 8.5 47 0.01
KL32-08 443.5 446.5 0.512 5120 0.32 7.6 313 122 240 159 4 73 78 12.8 70 0.01
KL32-08 446.5 449.5 0.64 6400 0.25 1.1 99 22 8 50 3 6 1.3 5.3 45 0.01
KL32-08 449.5 452.5 1.5 15000 0.74 4.4 116 107 12 31 23 18 0.8 20.0 50 0.01
KL32-08 452.5 455.5 0.82 8200 0.54 4.3 47 23 6 22 4 17 1.4 6.0 47 0.01
KL32-08 455.5 458.5 0.66 6600 0.6 8.2 272 1110 270 10 3 108 20 55.8 73 0.12
KL32-08 458.5 461.5 0.153 1530 0.5 4.2 1650 1590 220 5 2 104 12.3 21.4 95 0.1
KL32-08 461.5 464.5 0.26 2600 0.19 0.9 273 346 12 36 1 29 1.3 7.5 35 0.01
KL32-08 464.5 467.4 0.6 6000 0.31 1.3 59 21 1 70 1 9 0.01 4.0 51 0.01
KL32-08 467.4 470.5 0.506 5060 0.43 0.9 45 17 1 25 1 5 0.01 4.5 58 0.01
KL32-08 470.5 473.5 0.69 6900 0.53 1.1 42 15 1 110 1 4 0.01 4.3 60 0.01
KL32-08 473.5 476.5 0.72 7200 0.43 1.2 41 17 3 34 1 8 0.01 4.5 106 0.01
KL32-08 476.5 479.5 0.392 3920 0.26 0.7 31 11 1 31 1 6 0.01 3.9 70 0.01
KL32-08 479.5 482.5 0.361 3610 0.28 0.8 44 13 1 36 2 8 0.01 3.0 62 0.01
KL32-08 482.5 485.5 0.449 4490 0.2 1.2 89 23 1 34 2 7 0.01 4.8 58 0.01
KL32-08 485.5 488.5 0.464 4640 0.25 1.1 56 24 2 25 2 8 0.01 3.8 77 0.01
KL32-08 488.5 491.5 0.475 4750 0.43 0.7 52 19 1 16 0.01 6 0.01 3.3 76 0.01
KL32-08 491.5 494.5 0.56 5600 0.4 1 68 18 1 19 1 9 0.01 3.3 80 0.01
KL32-08 494.5 497.5 0.463 4630 0.31 0.5 64 14 1 20 1 8 0.01 3.3 87 0.11
KL32-08 497.5 500.5 0.8 8000 0.39 1.1 50 22 60 31 1 10 2.3 5.5 72 0.01
KL32-08 500.5 503.5 0.33 3300 0.19 0.6 25 10 0.01 16 0.01 5 0.01 3.0 85 0.01
KL32-08 503.5 506.5 0.387 3870 0.28 0.8 25 14 1 17 2 4 0.01 3.5 66 0.01
KL32-08 506.5 509.5 0.37 3700 0.19 0.5 40 11 3 12 1 6 0.01 2.8 70 0.01
KL32-08 509.5 512.5 0.489 4890 0.29 0.9 50 11 0.01 66 1 10 0.01 3.0 65 0.01
KL32-08 512.5 515.5 0.56 5600 0.26 2.1 82 43 1 20 2 7 0.6 4.5 99 0.01
KL32-08 515.5 518.5 0.73 7300 0.35 1.6 52 16 2 27 0.01 15 0.4 4.0 82 0.01
KL32-08 518.5 521.5 0.392 3920 0.21 2 83 30 1 16 1 9 0.01 2.5 79 0.01
KL32-08 521.5 524.5 0.34 3400 0.21 0.8 47 14 1 24 0.01 6 0.01 2.5 86 0.01
KL32-08 524.5 527.5 0.462 4620 0.27 1.1 52 17 1 35 1 8 0.01 4.7 99 0.01
KL32-08 527.5 530.5 0.468 4680 0.49 0.9 38 11 0.01 12 0.01 5 0.01 4.0 82 0.01
KL32-08 530.5 533.5 0.26 2600 0.23 0.6 49 9 0.01 42 0.01 3 0.01 2.0 78 0.01
KL32-08 533.5 536.5 0.483 4830 0.31 1.3 58 15 1 21 2 10 0.01 3.9 77 0.01
KL32-08 536.5 539.5 0.496 4960 0.35 1.3 105 14 1 43 0.01 11 0.01 4.8 76 0.01
KL32-08 539.5 542.5 0.69 6900 0.34 2.1 980 80 1 15 3 14 0.01 4.5 97 0.01
KL32-08 542.5 545.5 0.486 4860 0.47 1 74 15 0.01 31 0.01 10 0.01 4.5 73 0.01
KL32-08 545.5 548.5 0.348 3480 0.5 1.4 90 21 1 19 5 11 0.8 17.5 87 0.01
KL32-08 548.5 551.5 0.367 3670 0.25 1.3 57 13 2 34 0.01 7 0.2 4.0 68 0.01
KL32-08 551.5 554.4 0.415 4150 0.35 1.1 49 13 0.01 16 1 8 0.01 3.8 71 0.01
KL32-08 554.4 557.5 0.381 3810 0.32 1 44 7 0.01 13 0.01 8 0.01 4.3 69 0.01
KL32-08 557.5 561.7 0.74 7400 0.71 1.5 53 9 0.01 17 1 9 0.01 7.4 74 0.01
KL32-08 561.7 563.5 0.58 5800 0.5 1.1 53 9 1 19 1 9 0.01 3.8 79 0.01
KL32-08 563.5 566.5 1.1 11000 1.07 1.9 64 10 1 6 3 8 0.01 4.5 65 0.01
KL32-08 566.5 568.4 0.84 8400 0.31 1.8 67 7 1 105 0.01 11 0.01 4.0 64 0.01
KL32-08 568.4 571 0.3 3000 0.24 1 35 13 1 27 0.01 5 0.2 2.7 56 0.01
KL32-08 571 573.2 0.393 3930 0.35 1.1 53 16 1 12 0.01 3 0.01 2.0 32 0.01



Appendix V - 225 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-08 573.2 575.4 0.61 6100 0.51 1.1 45 27 3 7 0.01 9 0.01 3.0 45 0.01
KL32-08 575.4 578.5 0.51 5100 0.43 1.1 44 13 0.01 16 0.01 8 0.01 3.1 60 0.01
KL32-08 578.5 582 0.74 7400 0.26 1.6 52 16 1 16 0.01 8 0.01 3.6 47 0.01
KL32-08 582 584.5 0.342 3420 0.13 2.1 570 218 170 19 3 11 1.6 5.4 108 0.01
KL32-08 584.5 587.5 0.207 2070 0.02 1.2 176 60 62 23 2 3 1 1.7 151 0.01
KL32-08 587.5 590.5 0.105 1050 0.03 1 320 110 140 15 1 3 0.6 3.6 150 0.01
KL32-08 590.5 593.5 0.171 1710 0.04 0.8 301 96 32 22 1 0.01 0.5 1.7 193 0.01
KL32-08 593.5 596.4 0.23 2300 0.02 0.7 225 80 9 52 1 0.01 0.6 2.0 168 0.01
KL32-08 596.4 599.5 0.28 2800 0.04 0.8 263 408 43 42 0.01 0.01 2.8 2.1 190 0.01
KL32-08 599.5 602.5 0.152 1520 0.01 0.5 127 48 22 25 0.01 0.01 0.4 1.7 173 0.01
KL32-08 602.5 605.5 0.32 3200 0.04 0.9 83 32 0.01 17 1 0.01 0.5 2.6 196 0.01
KL32-08 605.5 608.5 0.493 4930 0.13 1.1 104 21 0.01 17 1 2 0.01 4.0 133 0.01
KL32-08 608.5 611.5 0.6 6000 0.12 1.2 355 104 61 14 1 2 0.5 3.2 144 0.01
KL32-08 611.5 614.5 0.448 4480 0.06 1.1 39 14 2 13 1 2 0.3 2.6 160 0.01
KL32-08 614.5 617.5 0.504 5040 0.1 1.3 25 10 34 12 1 3 0.2 3.0 179 0.01
KL32-08 617.5 620.5 0.61 6100 0.04 1.2 30 12 24 14 0.01 0.01 0.2 2.8 165 0.01
KL32-08 620.5 623.5 0.29 2900 0.03 1 44 20 240 26 0.01 3 3.1 2.3 211 0.01
KL32-08 623.5 626.5 0.392 3920 0.02 0.7 41 21 0.01 36 0.01 3 0.2 1.8 177 0.01
KL32-08 626.5 629.5 0.21 2100 0.02 1 317 67 24 32 1 3 0.3 1.7 270 0.01
KL32-08 629.5 632.5 0.21 2100 0.01 0.7 237 78 19 25 1 6 0.5 3.1 213 0.01
KL32-08 632.5 635.5 0.23 2300 0.01 0.9 630 215 11 27 1 3 0.4 2.0 209 0.01
KL32-08 635.5 638.5 0.105 1050 0.01 0.01 187 63 8 37 0.01 5 0.4 2.5 285 0.01
KL32-08 638.5 641.5 0.082 820 0.01 0.01 80 25 6 17 0.01 2 0.4 1.4 190 0.01
KL32-08 641.5 644.5 0.0277 277 0.01 0.01 43 15 6 15 0.01 4 0.4 2.4 343 0.01
KL32-08 644.5 647.5 0.52 5200 0.04 1.3 20 8 4 15 2 3 1 2.4 211 0.01
KL32-08 647.5 650.5 0.162 1620 0.02 0.5 22 8 1 23 0.01 2 0.5 1.6 201 0.01
KL32-08 650.5 653.5 0.24 2400 0.03 0.6 135 50 9 22 2 6 0.3 3.4 318 0.01
KL32-08 653.5 656.5 0.021 210 0.01 0.7 305 220 25 24 1 8 0.4 4.8 120 0.01
KL32-08 656.5 659.5 0.052 520 0.02 0.01 141 37 13 19 4 4 0.5 3.2 207 0.01
KL32-08 659.5 662.5 0.29 2900 0.04 0.01 30 12 4 18 1 4 0.5 3.7 170 0.01
KL32-08 662.5 665.5 0.404 4040 0.02 0.7 99 27 2 17 1 4 0.6 2.1 137 0.01
KL32-08 665.5 668.5 0.32 3200 0.01 1.4 421 160 30 31 1 2 0.4 1.4 197 0.01
KL32-08 668.5 671.5 0.21 2100 0.02 0.7 101 28 0.01 28 0.01 2 0.3 1.8 207 0.01
KL32-08 671.5 674.5 0.171 1710 0.01 0.01 54 15 1 23 0.01 2 0.2 1.2 255 0.01
KL32-08 674.5 677.5 0.104 1040 0.01 0.01 90 28 7 55 0.01 3 0.2 1.1 333 0.01
KL32-08 677.5 680.5 0.014 140 0.01 0.01 145 53 19 28 0.01 2 0.3 1.0 216 0.01
KL32-08 680.5 683.1 0.068 680 0.02 0.7 145 76 76 17 0.01 2 0.8 0.8 337 0.01
KL32-08 683.1 686.5 0.0401 401 0.01 0.7 168 114 63 21 0.01 2 2.3 0.8 290 0.01
KL32-08 686.5 689.5 0.093 930 0.01 0.5 130 60 77 19 0.01 0.01 0.7 1.4 294 0.01
KL32-08 689.5 692 0.161 1610 0.03 1.1 195 242 280 25 1 2 2.7 2.6 230 0.12
KL32-08 692 695.1 0.09 900 0.01 0.01 69 52 45 22 0.01 3 0.4 1.6 266 0.01
KL32-08 695.1 698.2 0.083 830 0.02 0.5 202 65 40 22 0.01 3 0.4 2.3 265 0.01
KL32-08 698.2 701.5 0.109 1090 0.03 0.01 68 26 1 17 0.01 0.01 0.2 1.8 192 0.01
KL32-08 701.5 704.5 0.101 1010 0.02 0.01 139 46 15 26 0.01 0.01 0.3 1.9 208 0.01
KL32-08 704.5 707.5 0.09 900 0.01 0.01 168 89 97 19 1 3 1.3 2.5 348 0.01
KL32-08 707.5 710.5 0.132 1320 0.02 0.01 23 15 64 28 0.01 0.01 0.5 1.7 217 0.01
KL32-08 710.5 713.5 0.171 1710 0.04 0.01 27 10 2 24 0.01 2 0.2 1.8 300 0.01
KL32-08 713.5 716.5 0.259 2590 0.03 0.6 59 18 3 23 0.01 2 0.3 2.4 206 0.01
KL32-08 716.5 719.5 0.197 1970 0.03 0.5 78 25 1 23 0.01 0.01 0.2 2.2 222 0.01
KL32-08 719.5 722.5 0.179 1790 0.04 0.5 217 62 3 40 0.01 0.01 0.2 2.5 289 0.01
KL32-08 722.5 725.4 0.156 1560 0.03 0.01 33 17 30 26 1 0.01 0.3 2.3 194 0.01
KL32-08 725.4 728.5 0.18 1800 0.02 0.01 110 36 9 83 0.01 0.01 0.2 1.9 244 0.01
KL32-08 728.5 731.5 0.135 1350 0.2 0.6 134 27 4 33 0.01 0.01 0.3 2.0 340 0.01
KL32-08 731.5 734.5 0.176 1760 0.05 0.01 34 16 1 24 0.01 0.01 0.2 2.2 307 0.01
KL32-08 734.5 737.5 0.09 900 0.03 0.01 245 119 41 31 1 0.01 0.5 3.2 251 0.01
KL32-08 737.5 740.5 0.166 1660 0.03 0.6 66 36 68 20 0.01 2 1.3 1.9 339 0.01
KL32-08 740.5 743.5 0.1 1000 0.03 0.01 314 74 11 48 0.01 5 0.6 3.4 194 0.01
KL32-08 743.5 746.5 0.06 600 0.06 0.01 132 116 63 42 1 2 3.8 3.4 386 0.01
KL32-08 746.5 749.5 0.154 1540 0.05 0.01 50 66 310 25 3 3 4.4 4.7 250 0.01
KL32-08 749.5 752.5 0.117 1170 0.02 0.01 218 95 370 19 1 0.01 1.9 2.7 338 0.01
KL32-08 752.5 755.5 0.216 2160 0.04 1.1 175 46 460 24 1 20 6.4 6.6 158 0.01
KL32-08 755.5 758.5 0.26 2600 0.04 0.7 158 55 14 16 2 5 0.6 3.3 193 0.01
KL32-08 758.5 761.5 0.206 2060 0.04 2.1 346 179 50 19 4 7 3.1 8.0 161 0.01



Appendix V - 226 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-08 761.5 764.5 0.382 3820 0.04 1.1 142 54 11 17 3 2 0.3 1.7 141 0.01
KL32-08 764.5 767.5 0.177 1770 0.03 1 113 47 120 17 4 2 4.3 2.6 186 0.01
KL32-08 767.5 770.5 0.29 2900 0.02 0.8 81 41 180 18 1 3 1.4 1.8 123 0.01
KL32-08 770.5 773.5 0.124 1240 0.04 0.5 218 128 38 24 1 0.01 0.3 2.5 187 0.01
KL32-08 773.5 776.1 0.434 4340 0.02 1.1 262 98 2 17 0.01 2 0.01 2.3 169 0.01
KL32-08 776.1 779.5 0.26 2600 0.03 0.7 121 45 7 21 1 4 0.4 2.1 110 0.01
KL32-08 779.5 782.3 0.088 880 0.03 0.01 189 56 6 47 1 2 0.7 2.4 155 0.01
KL32-08 782.3 785.5 0.155 1550 0.02 0.01 47 9 1 27 0.01 0.01 0.2 2.9 290 0.01
KL32-08 785.5 788.5 0.21 2100 0.04 0.01 49 13 2 20 0.01 3 0.3 2.2 222 0.01
KL32-08 788.5 791.6 0.2 2000 0.02 0.01 52 13 1 39 0.01 2 0.2 1.7 162 0.01
KL32-08 791.6 794.5 0.23 2300 0.03 0.01 59 28 0.01 36 0.01 0.01 0.2 3.2 198 0.01
KL32-08 794.5 797.5 0.23 2300 0.03 0.01 51 17 0.01 31 0.01 2 0.01 1.3 136 0.01
KL32-08 797.5 800.5 0.195 1950 0.1 0.01 38 12 1 42 0.01 3 0.01 1.2 144 0.01
KL32-08 800.5 803.5 0.123 1230 0.06 0.01 16 0.01 2 22 0.01 2 0.3 0.9 156 0.01
KL32-08 803.5 806.5 0.157 1570 0.12 0.01 21 0.01 1 45 0.01 3 0.2 1.6 212 0.01
KL32-08 806.5 809.8 0.156 1560 0.02 0.01 47 10 1 34 0.01 3 0.2 1.8 231 0.01
KL32-08 809.8 812.5 0.171 1710 0.02 0.01 570 153 9 38 0.01 2 0.3 2.3 243 0.01
KL32-08 812.5 815.5 0.39 3900 0.06 2 296 142 57 51 3 0.01 1.2 4.0 171 0.01
KL32-08 815.5 818.5 0.172 1720 0.04 0.9 79 27 69 71 11 2 9.4 2.8 267 0.01
KL32-08 818.5 821.5 0.162 1620 0.03 0.8 68 22 56 17 0.01 0.01 0.4 0.8 150 0.01
KL32-08 821.5 824.5 0.084 840 0.01 0.01 96 44 190 12 0.01 3 1 2.6 210 0.01
KL32-08 824.5 827.5 0.109 1090 0.01 0.01 89 30 5 8 0.01 3 0.2 1.8 224 0.01
KL32-08 827.5 830.5 0.113 1130 0.02 0.01 54 18 2 23 0.01 2 0.4 1.6 264 0.01
KL32-08 830.5 833.5 0.097 970 0.01 0.01 42 13 1 26 0.01 0.01 0.2 0.9 165 0.01
KL32-08 833.5 836.5 0.136 1360 0.03 0.01 56 18 2 64 0.01 0.01 0.01 1.1 155 0.01
KL32-08 836.5 839.5 0.192 1920 0.05 0.01 95 35 130 19 3 0.01 9.1 3.5 237 0.01
KL32-08 839.5 842.5 0.162 1620 0.06 0.01 42 17 20 20 0.01 2 0.4 2.4 194 0.01
KL32-08 842.5 845.5 0.159 1590 0.03 0.01 54 26 20 19 0.01 2 0.4 1.8 163 0.01
KL32-08 845.5 848.5 0.149 1490 0.02 0.01 27 10 5 28 0.01 3 0.3 2.3 110 0.01
KL32-08 848.5 851.5 0.116 1160 0.01 0.01 19 8 1 19 0.01 0.01 0.2 1.3 147 0.01
KL32-08 851.5 854.5 0.162 1620 0.01 0.01 17 6 1 20 0.01 0.01 0.2 0.7 155 0.01
KL32-08 854.5 857.5 0.149 1490 0.08 0.01 30 10 1 22 0.01 2 0.01 0.8 237 0.01
KL32-08 857.5 860.5 0.104 1040 0.02 0.01 16 8 1 34 0.01 2 0.01 1.6 205 0.01
KL32-08 860.5 863.5 0.181 1810 0.03 0.01 65 33 6 21 0.01 2 0.01 2.7 212 0.01
KL32-08 863.5 866.5 0.121 1210 0.03 0.01 23 7 1 39 0.01 3 0.01 2.0 251 0.01
KL32-08 866.5 869.5 0.115 1150 0.06 0.01 77 26 31 40 1 6 3.1 4.7 316 0.01
KL32-08 869.5 872.5 0.0378 378 0.02 0.01 26 21 87 34 4 4 6.9 2.7 224 0.01
KL32-08 872.5 875.5 0.29 2900 0.02 0.8 41 18 58 41 1 2 0.5 1.7 224 0.01
KL32-08 875.5 878.5 0.24 2400 0.02 0.01 100 165 50 37 0.01 0.01 0.2 1.5 132 0.01
KL32-08 878.5 880.7 0.158 1580 0.03 0.01 44 22 140 42 0.01 0.01 0.5 1.6 334 0.01
KL32-08 880.7 883.8 0.155 1550 0.01 0.01 121 42 6 21 0.01 2 0.2 1.1 168 0.01
KL32-08 883.8 886.9 0.21 2100 0.04 0.01 65 18 4 43 0.01 3 0.2 1.4 139 0.01
KL32-08 886.9 890 0.171 1710 0.04 0.01 19 0.01 0.01 74 0.01 3 0.01 1.3 183 0.01
KL32-08 890 893.5 0.105 1050 0.02 0.01 20 0.01 0.01 42 0.01 2 0.01 0.8 256 0.01
KL32-08 893.5 896.5 0.088 880 0.01 0.01 56 8 1 47 0.01 2 0.2 1.2 396 0.01
KL32-08 896.5 899.5 0.143 1430 0.05 0.01 51 14 0.01 46 0.01 0.01 0.2 0.8 198 0.01
KL32-08 899.5 902.5 0.107 1070 0.02 0.01 19 7 4 52 0.01 2 0.2 0.6 273 0.01
KL32-08 902.5 905.5 0.18 1800 0.01 0.6 20 18 59 48 0.01 3 0.01 1.1 154 0.01
KL32-08 905.5 908.5 0.26 2600 0.02 0.8 98 21 11 45 0.01 3 0.01 1.4 200 0.01
KL32-08 908.5 911.5 0.24 2400 0.03 0.8 69 14 0.01 30 0.01 4 0.2 2.4 313 0.01
KL32-08 911.5 914.5 0.27 2700 0.02 0.8 54 16 0.01 17 0.01 4 0.2 1.9 247 0.01
KL32-08 914.5 917.5 0.129 1290 0.01 0.01 184 26 2 24 0.01 2 0.3 2.4 181 0.01
KL32-08 917.5 920.5 0.22 2200 0.04 0.6 35 7 1 24 0.01 4 0.01 1.2 163 0.01
KL32-08 920.5 923.5 0.2 2000 0.06 0.01 24 7 2 21 0.01 4 0.2 1.1 190 0.01
KL32-08 923.5 926.5 0.23 2300 0.05 0.01 29 9 66 36 0.01 5 0.01 1.2 159 0.01
KL32-08 926.5 929.5 0.24 2400 0.06 0.01 23 9 44 27 0.01 4 0.01 1.7 156 0.01
KL32-08 929.5 932.5 0.27 2700 0.07 0.01 26 6 16 29 0.01 4 0.01 1.6 206 0.01
KL32-08 932.5 935.5 0.24 2400 0.08 0.01 32 6 1 26 0.01 3 0.01 1.2 178 0.01
KL32-08 935.5 938.5 0.184 1840 0.05 0.01 36 6 1 16 0.01 5 0.01 0.9 173 0.01
KL32-08 938.5 941.5 0.21 2100 0.08 0.6 146 52 4 28 0.01 4 0.01 1.4 167 0.01
KL32-08 941.5 944.5 0.24 2400 0.04 0.5 63 22 2 18 0.01 5 0.01 1.2 172 0.01
KL32-08 944.5 947.5 0.32 3200 0.04 0.7 36 12 42 16 0.01 5 0.2 1.9 162 0.01
KL32-08 947.5 950.5 0.305 3050 0.05 0.8 75 21 36 23 0.01 4 0.01 1.6 134 0.01



Appendix V - 227 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-08 950.5 953.5 0.35 3500 0.03 0.7 67 18 5 10 0.01 5 0.01 1.3 164 0.01
KL32-08 953.5 956.5 0.164 1640 0.01 0.01 50 9 120 9 0.01 3 0.2 0.9 187 0.01
KL32-08 956.5 959.5 0.151 1510 0.03 0.01 29 6 2 15 0.01 3 0.2 0.9 200 0.01
KL32-08 959.5 962.1 0.21 2100 0.03 0.5 41 10 1 24 0.01 4 0.01 0.9 191 0.01
KL32-08 962.1 965.2 0.166 1660 0.02 0.6 54 20 30 24 0.01 2 0.4 1.2 147 0.01
KL32-08 965.2 967.9 0.23 2300 0.02 0.6 76 25 22 19 0.01 7 0.3 1.7 153 0.01
KL32-08 967.9 971.1 0.175 1750 0.03 0.6 38 9 1 13 0.01 4 0.2 1.1 172 0.01
KL32-08 971.1 974.2 0.194 1940 0.04 0.01 69 15 1 40 0.01 6 0.2 1.4 168 0.01
KL32-08 974.2 977.3 0.23 2300 0.03 0.01 60 14 1 16 0.01 5 0.2 1.2 139 0.01
KL32-08 977.3 980.5 0.29 2900 0.07 0.9 86 31 3 20 1 6 0.5 2.4 168 0.01
KL32-08 980.5 983.5 0.23 2300 0.04 0.8 165 28 5 22 0.01 5 0.01 1.4 128 0.01
KL32-08 983.5 985.7 0.27 2700 0.04 0.6 79 21 7 22 0.01 5 0.2 1.0 173 0.01
KL32-08 985.7 988.8 0.27 2700 0.05 0.7 46 11 15 42 0.01 4 0.5 0.8 148 0.01
KL32-08 988.8 992.8 0.33 3300 0.07 1.2 224 57 20 20 1 4 2.2 1.3 177 0.01
KL32-09 0 4.9 0.0304 304 0.02 0.6 670 121 13 7 0.01 0.01 0.9 1.8 38 0.01
KL32-09 4.9 8.5 0.0055 55 0.01 0.01 118 32 3 2 1 0.01 0.01 0.6 29 0.01
KL32-09 8.5 11.5 0.0046 46 0.01 0.01 106 57 3 3 0.01 0.01 0.01 0.5 30 0.01
KL32-09 11.5 14.5 0.0046 46 0.01 0.5 207 48 9 4 0.01 0.01 0.01 0.8 32 0.01
KL32-09 14.5 17.5 0.0085 85 0.01 0.01 102 35 5 6 0.01 0.01 0.01 1.1 33 0.01
KL32-09 17.5 19.9 0.0015 15 0.01 0.01 149 64 9 0.01 0.01 0.01 0.2 0.0 32 0.01
KL32-09 19.9 23.5 0.0028 28 0.01 0.01 136 62 7 3 0.01 0.01 0.2 1.1 51 0.01
KL32-09 23.5 26.5 0.26 2600 0.02 2.2 386 169 21 310 1 4 0.9 1.5 32 0.01
KL32-09 26.5 29.5 0.005 50 0.01 0.01 188 70 6 7 0.01 0.01 0.2 1.1 54 0.01
KL32-09 29.5 32.5 0.0076 76 0.01 0.01 124 47 10 6 0.01 0.01 0.3 2.6 51 0.01
KL32-09 32.5 35.5 0.0068 68 0.01 0.01 107 40 6 7 0.01 0.01 0.01 0.9 17 0.01
KL32-09 35.5 38.5 0.0087 87 0.01 0.5 58 27 4 2 0.01 0.01 0.01 0.9 18 0.01
KL32-09 38.5 41.5 0.0031 31 0.01 0.7 328 127 4 2 0.01 0.01 0.01 0.9 17 0.01
KL32-09 41.5 44.2 0.0029 29 0.01 0.6 287 150 6 0.01 0.01 0.01 0.6 1.8 21 0.01
KL32-09 44.2 47.3 0.0098 98 0.01 0.7 250 133 7 6 0.01 0.01 0.01 1.0 18 0.01
KL32-09 47.3 50.4 0.0042 42 0.01 0.01 94 56 4 3 0.01 2 0.01 2.0 15 0.01
KL32-09 50.4 53.5 0.0012 12 0.01 0.8 406 127 6 2 0.01 0.01 0.3 1.5 17 0.01
KL32-09 53.5 56.5 0.0036 36 0.01 1 386 223 14 3 0.01 0.01 0.4 1.4 23 0.01
KL32-09 56.5 59.5 0.0027 27 0.01 1 199 76 5 2 0.01 0.01 0.2 0.9 16 0.01
KL32-09 59.5 63.6 0.004 40 0.01 0.9 450 163 4 2 0.01 0.01 0.3 1.5 15 0.01
KL32-09 63.6 67.5 0.0046 46 0.01 0.01 313 195 4 2 0.01 0.01 0.4 2.0 17 0.01
KL32-09 67.5 71.5 0.0065 65 0.01 2 1180 1360 3 4 0.01 0.01 0.9 2.1 15 0.01
KL32-09 71.5 74.5 0.0114 114 0.01 5.9 3540 3400 13 7 0.01 0.01 3.9 7.0 23 0.2
KL32-09 74.5 77.5 0.0053 53 0.01 1.5 980 860 6 5 0.01 0.01 0.4 2.0 18 0.01
KL32-09 77.5 80.5 0.003 30 0.01 0.7 660 590 4 4 0.01 0.01 0.3 0.9 16 0.01
KL32-09 80.5 83.5 0.0031 31 0.01 0.6 363 317 5 5 1 0.01 0.01 1.6 16 0.01
KL32-09 83.5 86.5 0.0124 124 0.01 1 660 266 5 10 2 0.01 0.01 1.3 17 0.01
KL32-09 86.5 89.5 0.0073 73 0.01 4.2 1630 930 8 8 10 0.01 0.2 4.1 16 0.01
KL32-09 89.5 92.2 0.0311 311 0.01 12 6400 1210 29 12 26 3 0.6 6.0 15 0.13
KL32-09 92.2 95.3 0.016 160 0.02 1.8 1320 530 17 7 2 0.01 1.5 2.7 16 0.01
KL32-09 95.3 98.4 0.008 80 0.01 2.2 1130 550 15 30 5 0.01 0.01 3.8 12 0.01
KL32-09 98.4 101.4 0.0032 32 0.01 1.5 420 258 14 9 5 0.01 0.01 3.7 13 0.01
KL32-09 101.4 104.5 0.0112 112 0.01 1.6 271 360 11 8 4 0.01 0.01 3.5 13 0.01
KL32-09 104.5 107.5 0.0117 117 0.01 4.2 4320 2600 21 15 8 0.01 0.4 5.0 19 0.2
KL32-09 107.5 110.5 0.0043 43 0.01 1.7 470 570 13 11 5 0.01 0.01 2.3 13 0.01
KL32-09 110.5 113.5 0.004 40 0.01 2.8 1050 820 16 18 6 0.01 0.01 3.8 16 0.01
KL32-09 113.5 116.5 0.0063 63 0.01 1.9 406 460 22 18 3 0.01 0.2 6.3 16 0.1
KL32-09 116.5 119.3 0.0052 52 0.01 1.2 192 257 19 17 2 0.01 0.01 2.1 21 0.01
KL32-09 119.3 122.4 0.0276 276 0.01 5.9 1470 1110 80 55 10 3 3.3 4.0 20 0.01
KL32-09 122.4 125.5 0.054 540 0.02 13.8 4470 3800 180 117 24 15 4 10.0 27 0.12
KL32-09 125.5 128.5 0.0082 82 0.01 4.4 1630 3400 39 8 3 0.01 0.01 4.0 13 0.01
KL32-09 128.5 131.5 0.008 80 0.01 3.1 288 720 24 16 7 0.01 0.2 3.1 12 0.01
KL32-09 131.5 134.5 0.0024 24 0.01 1 133 152 13 24 2 0.01 0.2 2.5 13 0.01
KL32-09 134.5 137.5 0.043 430 0.01 1.4 730 387 16 33 3 0.01 1.1 3.5 14 0.01
KL32-09 137.5 140.5 0.0134 134 0.02 1.9 440 163 14 25 3 0.01 0.5 3.2 14 0.01
KL32-09 140.5 143.1 0.0049 49 0.03 2.9 3680 1220 40 12 3 0.01 2.9 6.5 18 0.1
KL32-09 143.1 146.1 0.0049 49 0.02 2.6 3390 1500 29 10 3 0.01 0.8 9.6 17 0.01
KL32-09 146.1 149.1 0.011 110 0.02 3.9 2230 800 45 140 4 4 2.9 7.3 17 0.1
KL32-09 149.1 152.3 0.0093 93 0.03 4.2 1470 1020 21 46 4 0.01 3.7 8.0 30 0.1



Appendix V - 228 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-09 152.3 155.5 0.0042 42 0.01 1.6 374 351 9 23 0.01 0.01 0.6 2.8 19 0.01
KL32-09 155.5 158.5 0.0093 93 0.02 4.2 2280 2070 17 45 1 0.01 4.5 4.1 20 0.01
KL32-09 158.5 161.5 0.0272 272 0.01 1.2 327 300 7 26 0.01 0.01 0.5 1.9 23 0.01
KL32-09 161.5 164.5 0.0092 92 0.01 2.2 379 850 14 62 2 0.01 0.5 2.2 25 0.01
KL32-09 164.5 167.5 0.021 210 0.02 4 2580 4200 48 132 3 0.01 3.7 10.1 26 0.1
KL32-09 167.5 170.5 0.0327 327 0.01 4.5 1320 4600 54 87 5 0.01 3.2 5.0 19 0.01
KL32-09 170.5 173.5 0.026 260 0.01 4.8 690 2300 53 117 8 0.01 1.4 5.8 18 0.01
KL32-09 173.5 176.5 0.13 1300 0.01 48 2040 9800 56 574 94 0.01 2.7 18.6 23 0.1
KL32-09 176.5 179.5 0.13 1300 0.01 17.2 3450 6800 82 612 32 2 2.7 10.8 29 0.01
KL32-09 179.5 182.5 0.0187 187 0.01 3.1 1460 1750 17 128 6 0.01 0.4 4.2 30 0.01
KL32-09 182.5 185.5 0.0166 166 0.01 3.1 630 700 20 9 6 0.01 0.5 4.0 22 0.01
KL32-09 185.5 188.5 0.024 240 0.01 4.4 890 620 30 39 10 2 0.7 3.0 21 0.01
KL32-09 188.5 191.3 0.0265 265 0.01 3.5 490 580 55 29 6 0.01 2.5 5.5 39 0.01
KL32-09 191.3 194.4 0.079 790 0.01 4.4 990 1260 190 28 8 2 5.1 6.0 25 0.01
KL32-09 194.4 196.7 0.0278 278 0.01 1.8 118 240 75 31 2 3 2.5 4.2 20 0.01
KL32-09 196.7 200.5 0.0299 299 0.01 2.6 420 570 61 34 4 0.01 1.9 5.8 24 0.01
KL32-09 200.5 203.3 0.085 850 0.01 5 2810 3150 44 68 9 0.01 2.4 10.0 19 0.1
KL32-09 203.3 206.5 0.071 710 0.01 11.8 31200 27200 17 9 8 0.01 4 12.0 19 0.01
KL32-09 206.5 210.6 0.27 2700 0.01 52 19000 13100 200 143 110 4 13.4 33.0 30 0.24
KL32-09 210.6 213.1 0.053 530 0.01 10.9 2540 1300 79 15 26 3 2.6 9.0 14 0.01
KL32-09 213.1 215.5 0.083 830 0.01 13.8 10200 9900 80 6 23 6 4 18.2 12 0.01
KL32-09 215.5 218.4 0.054 540 0.01 4.4 660 1330 45 20 7 5 2.4 4.5 11 0.01
KL32-09 218.4 220.7 0.042 420 0.01 7.2 8100 6300 23 32 8 3 1.1 6.8 15 0.1
KL32-09 220.7 223.4 0.018 180 0.01 0.6 102 107 6 11 2 0.01 0.01 1.7 10 0.01
KL32-09 223.4 226.8 0.066 660 0.01 3.4 640 240 57 16 7 10 2.6 2.2 14 0.01
KL32-09 226.8 229.5 0.067 670 0.01 2.4 500 289 44 9 5 28 1.5 3.2 15 0.01
KL32-09 229.5 233.1 0.078 780 0.01 2 248 160 39 30 4 39 1.6 2.2 17 0.01
KL32-09 233.1 236.5 0.4 4000 0.01 6.8 1540 530 510 42 18 71 18 7.8 38 0.1
KL32-09 236.5 239.5 0.81 8100 0.33 1.1 102 50 0.01 97 0.01 29 0.01 7.0 62 0.1
KL32-09 239.5 242.5 2.34 23400 0.14 18.3 1690 640 41 2435 4 37 7.8 9.0 59 0.1
KL32-09 242.5 245.5 2.41 24100 0.14 13.2 2900 351 44 1225 5 49 7.9 25.0 82 0.1
KL32-09 245.5 248.5 2.2 22000 0.12 12.8 14700 3600 49 680 7 79 21 40.0 82 0.01
KL32-09 248.5 251.5 2.5 25000 0.16 3.5 1510 286 5 2880 2 47 0.5 26.0 34 0.01
KL32-09 251.5 254.8 2.06 20600 0.16 5.4 630 180 14 1072 6 65 3 25.0 53 0.01
KL32-09 254.8 257.7 0.23 2300 0.03 0.8 530 181 9 83 2 41 0.4 8.5 18 0.1
KL32-09 257.7 260.5 0.97 9700 0.08 1.6 2700 219 15 134 4 146 1.5 11.5 30 0.01
KL32-09 260.5 263.5 1.42 14200 0.14 2.4 3400 256 25 346 4 175 2.3 10.0 25 0.1
KL32-09 263.5 266.5 0.98 9800 0.12 2.1 520 228 27 242 6 144 2.3 24.5 33 0.3
KL32-09 266.5 269.5 1.03 10300 0.14 1.7 1440 133 17 209 5 101 2.5 21.8 27 0.2
KL32-09 269.5 272.5 2.92 29200 0.2 3.2 1150 280 9 1940 4 81 1.7 39.5 44 0.01
KL32-09 272.5 275.5 2.38 23800 0.16 3.8 1660 870 17 1455 5 52 1.2 18.5 36 0.01
KL32-09 275.5 278.5 1.34 13400 0.16 1.9 570 730 15 59 3 62 1.9 18.5 39 0.01
KL32-09 278.5 281.5 3.65 36500 0.34 3.1 820 363 6 1320 1 53 0.9 27.0 27 0.01
KL32-09 281.5 284.5 1.67 16700 0.2 1.8 510 280 3 451 0.01 43 0.7 13.0 24 0.01
KL32-09 284.5 287.5 1.04 10400 0.22 0.9 243 95 4 345 0.01 36 0.7 10.5 41 0.01
KL32-09 287.5 290.5 0.66 6600 0.15 0.6 115 198 2 194 0.01 26 0.2 6.4 45 0.01
KL32-09 290.5 293.5 0.73 7300 0.15 0.9 102 61 4 178 0.01 15 0.01 5.5 34 0.01
KL32-09 293.5 296.5 0.25 2500 0.09 0.01 96 81 4 197 0.01 13 0.3 2.5 30 0.01
KL32-09 296.5 299.5 0.88 8800 0.22 0.8 196 254 11 58 0.01 32 0.4 5.3 43 0.01
KL32-09 299.5 302.5 2.45 24500 0.48 2 358 283 6 550 0.01 31 0.5 16.0 50 0.01
KL32-09 302.5 305.5 1.72 17200 0.32 5.7 440 900 22 550 2 25 1.4 12.0 47 0.01
KL32-09 305.5 308.5 2.17 21700 0.55 4.4 470 189 14 670 2 35 1.2 20.0 69 0.01
KL32-09 308.5 311.5 2.8 28000 0.61 5.8 540 59 4 265 0.01 41 0.01 14.5 84 0.01
KL32-09 311.5 314.5 1.23 12300 0.45 3.2 372 87 9 146 1 28 0.2 7.5 68 0.01
KL32-09 314.5 317.5 0.52 5200 0.19 0.9 106 41 2 58 0.01 42 0.01 7.0 61 0.01
KL32-09 317.5 320.5 1.43 14300 0.1 16.8 2200 1120 200 740 8 51 7.9 6.0 64 0.01
KL32-09 320.5 323.5 2.3 23000 1 2.3 286 45 5 660 2 32 0.01 33.0 108 0.01
KL32-09 323.5 326.5 1.35 13500 0.45 3 1550 41 6 450 2 25 0.01 17.0 101 0.01
KL32-09 326.5 329.5 1.27 12700 0.47 1.3 470 40 3 311 1 34 0.01 14.5 104 0.01
KL32-09 329.5 332.5 1.07 10700 0.44 4.2 265 62 5 298 1 24 0.01 7.5 146 0.01
KL32-09 332.5 335.5 1.25 12500 0.55 5.7 930 66 12 231 6 34 0.4 8.5 96 0.01
KL32-09 335.5 338.5 2.5 25000 1.01 10.4 381 34 6 401 3 47 0.4 28.0 127 0.01
KL32-09 338.5 341.5 1.43 14300 1.03 7 73 23 18 168 2 17 0.6 4.5 98 0.01



Appendix V - 229 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-09 341.5 344.5 0.97 9700 0.49 4.3 101 37 5 172 1 16 0.01 2.7 66 0.01
KL32-09 344.5 346.8 0.91 9100 0.32 5.7 129 43 3 162 4 17 0.2 3.8 69 0.01
KL32-09 346.8 349 0.79 7900 0.25 4 189 35 4 178 5 16 0.6 4.8 113 0.01
KL32-09 349 351.7 0.25 2500 0.06 1.4 147 36 12 402 2 12 0.9 2.4 174 0.01
KL32-09 351.7 354.3 0.105 1050 0.03 0.7 69 15 3 206 1 5 0.3 1.8 223 0.01
KL32-09 354.3 356.5 0.59 5900 0.15 2.3 102 25 3 156 2 12 0.01 2.8 137 0.01
KL32-09 356.5 359.5 0.58 5800 0.19 3.8 321 170 9 201 24 9 0.4 8.9 49 0.01
KL32-09 359.5 362.5 0.48 4800 0.29 4.6 550 387 11 89 36 11 0.4 17.8 53 0.01
KL32-09 362.5 365.5 2.76 27600 0.77 6.7 450 200 10 173 2 31 0.3 9.0 77 0.01
KL32-09 365.5 368.5 0.46 4600 0.25 1.6 113 36 9 182 0.01 10 0.2 2.3 76 0.01
KL32-09 368.5 371.5 0.72 7200 0.38 4.8 335 102 4 298 6 13 0.2 3.3 46 0.01
KL32-09 371.5 374.5 0.27 2700 0.24 4.7 396 343 12 140 20 14 0.6 19.5 43 0.01
KL32-09 374.5 377.5 0.49 4900 0.33 4.8 1030 550 15 105 6 18 0.5 24.4 51 0.01
KL32-09 377.5 380.5 0.23 2300 0.36 1.9 440 42 3 137 3 8 0.01 10.3 76 0.01
KL32-09 380.5 383.5 0.76 7600 0.44 3.5 1160 270 22 299 1 11 0.6 4.3 67 0.01
KL32-09 383.5 386.5 1.65 16500 0.64 9.5 680 302 5 474 5 12 1 4.5 120 0.01
KL32-09 386.5 389.5 0.7 7000 0.41 4.1 63 11 5 76 4 34 0.2 8.0 61 0.01
KL32-09 389.5 392.5 0.82 8200 0.73 3.9 57 13 3 130 2 13 0.01 7.5 41 0.01
KL32-09 392.5 395.2 0.47 4700 0.53 2.3 91 32 2 37 1 11 0.01 5.5 70 0.01
KL32-09 395.2 398.5 0.8 8000 0.67 3.4 116 44 14 35 2 14 1.6 4.3 115 0.01
KL32-09 398.5 401.5 3.67 36700 1.36 17.8 220 233 82 87 5 10 11.1 21.0 172 0.01
KL32-09 401.5 404.5 1.3 13000 0.93 4.9 71 20 5 43 2 19 0.4 4.0 98 0.01
KL32-09 404.5 407.5 0.99 9900 0.45 4.6 147 38 9 20 3 21 1.8 5.8 79 0.01
KL32-09 407.5 410.5 1.23 12300 0.76 5.7 72 25 5 53 2 15 0.5 6.0 137 0.01
KL32-09 410.5 413.5 1.28 12800 1.64 6.5 61 37 4 46 3 30 0.2 10.0 140 0.01
KL32-09 413.5 416.5 1.15 11500 0.91 4.2 56 18 2 36 2 14 0.01 8.0 98 0.01
KL32-09 416.5 419.5 1.17 11700 0.8 1.8 81 55 3 154 1 27 0.2 8.7 85 0.01
KL32-09 419.5 422.5 0.58 5800 0.23 0.8 62 26 1 390 0.01 13 0.3 8.3 218 0.01
KL32-09 422.5 425.5 0.65 6500 0.19 0.9 36 21 1 374 0.01 7 0.01 5.8 115 0.01
KL32-09 425.5 428.5 0.66 6600 0.2 0.8 46 17 0.01 208 0.01 7 0.01 5.0 142 0.01
KL32-09 428.5 431.5 0.65 6500 0.18 1 34 17 0.01 176 0.01 5 0.01 3.3 136 0.01
KL32-09 431.5 434.5 0.63 6300 0.15 1.2 71 48 1 141 0.01 9 0.2 4.5 150 0.01
KL32-09 434.5 437.5 0.54 5400 0.16 0.7 56 19 0.01 70 0.01 5 0.01 4.3 87 0.01
KL32-09 437.5 440.5 0.65 6500 0.14 0.9 276 115 2 110 0.01 5 0.5 3.3 243 0.01
KL32-09 440.5 443.5 0.77 7700 0.21 1.6 66 29 0.01 268 0.01 8 0.01 2.8 89 0.01
KL32-09 443.5 446.5 0.77 7700 0.18 0.9 51 17 0.01 133 0.01 7 0.3 1.8 69 0.01
KL32-09 446.5 449.5 0.64 6400 0.17 1.3 161 48 0.01 122 1 26 0.01 5.9 88 0.01
KL32-09 449.5 452.5 0.62 6200 0.25 1 25 14 0.01 130 0.01 11 0.01 5.8 58 0.01
KL32-09 452.5 455.5 0.52 5200 0.24 0.8 24 15 1 66 0.01 13 0.01 9.8 100 0.01
KL32-09 455.5 458.5 1.04 10400 0.36 1.8 24 22 0.01 87 0.01 15 0.01 7.5 66 0.01
KL32-09 458.5 461.5 0.82 8200 0.53 1.7 41 12 0.01 117 0.01 21 0.01 13.0 84 0.01
KL32-09 461.5 464.5 1.27 12700 0.57 2.4 23 14 1 51 0.01 24 0.01 8.0 52 0.01
KL32-09 464.5 467.5 1.35 13500 0.87 3.6 30 18 3 23 0.01 26 0.01 16.0 56 0.01
KL32-09 467.5 470.5 1.1 11000 0.81 2.3 32 16 7 36 0.01 19 0.2 11.0 92 0.01
KL32-09 470.5 473.5 1.18 11800 0.71 2 56 27 6 42 1 31 0.2 12.5 107 0.01
KL32-09 473.5 475.8 0.76 7600 0.36 1.9 36 20 4 16 1 23 0.4 12.5 67 0.01
KL32-09 475.8 479.5 1.1 11000 0.94 3.3 45 26 10 12 1 80 0.3 21.3 98 0.01
KL32-09 479.5 482.5 1.14 11400 1.18 7.2 93 115 28 61 3 85 0.2 25.5 95 0.01
KL32-09 482.5 485.5 0.67 6700 0.54 2.2 38 30 21 186 1 45 0.01 15.5 117 0.01
KL32-09 485.5 488.5 0.81 8100 0.82 2.4 49 27 12 47 1 50 0.01 9.8 105 0.01
KL32-09 488.5 491.5 0.69 6900 0.6 2 42 29 8 79 1 64 0.2 10.3 90 0.01
KL32-09 491.5 494.5 0.6 6000 0.84 1.2 40 35 41 56 1 56 0.4 7.5 100 0.01
KL32-09 494.5 497.5 0.75 7500 1 2 50 24 16 35 2 34 0.3 10.3 96 0.01
KL32-09 497.5 500.5 1.06 10600 1.02 3.7 184 19 11 65 1 40 0.3 11.3 103 0.01
KL32-09 500.5 503.5 1.14 11400 1.2 5.3 259 40 0.01 50 0.01 54 0.2 10.0 65 0.01
KL32-09 503.5 506.5 1.29 12900 1.18 3.3 173 15 1 42 1 45 0.5 13.5 62 0.01
KL32-09 506.5 509.5 1.55 15500 1.4 2.9 219 16 17 10 1 54 0.8 19.5 74 0.01
KL32-09 509.5 512.5 2.54 25400 2.94 3.4 258 20 48 5 0.01 47 1.2 9.5 95 0.01
KL32-09 512.5 515.5 5.69 56900 4.38 8 335 19 9 133 0.01 114 0.9 17.0 150 0.01
KL32-09 515.5 518.5 3.16 31600 2.08 4.8 412 68 80 31 0.01 53 1.1 9.0 113 0.01
KL32-09 518.5 521.5 2.21 22100 1.36 2.8 334 57 33 15 1 44 1.5 21.0 92 0.01
KL32-09 521.5 524.3 2.71 27100 1.74 3 356 91 35 76 0.01 47 1.4 7.0 140 0.01
KL32-09 524.3 527.5 1.33 13300 0.92 1.7 273 18 8 36 0.01 44 0.01 10.0 102 0.01



Appendix V - 230 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-09 527.5 530.5 3.43 34300 2.02 4.1 368 21 19 91 0.01 57 2.1 8.0 126 0.01
KL32-09 530.5 533.5 10.9 109000 8.91 19.8 1080 17 21 1840 0.01 88 0.6 17.5 87 0.01
KL32-09 533.5 536.5 5.52 55200 4.48 15.8 640 12 9 196 1 84 0.2 20.0 96 0.01
KL32-09 536.5 539.5 4.2 42000 3.24 15.5 321 15 17 39 1 83 0.2 17.5 92 0.01
KL32-09 539.5 542.5 1.21 12100 0.77 2.3 47 11 21 141 1 70 0.01 13.5 84 0.01
KL32-09 542.5 545.5 5.46 54600 7.82 9.7 174 9 15 86 1 87 0.01 8.0 127 0.01
KL32-09 545.5 548.5 2.46 24600 4.12 5.6 208 16 15 69 1 60 0.2 14.0 147 0.01
KL32-09 548.5 551.5 1.54 15400 1.84 3.4 231 15 9 90 1 57 0.01 11.5 110 0.01
KL32-09 551.5 554.5 3.63 36300 4.24 8.4 244 11 13 106 1 90 0.01 12.5 146 0.01
KL32-09 554.5 557.5 0.88 8800 0.48 1.9 31 10 29 49 0.01 46 0.01 9.0 105 0.01
KL32-09 557.5 560.5 0.82 8200 0.69 2.2 43 10 9 64 1 23 0.01 7.3 95 0.01
KL32-09 560.5 563.5 1.14 11400 0.49 2.7 47 30 10 42 0.01 59 0.01 16.0 120 0.01
KL32-09 563.5 566.5 1.58 15800 0.77 3.1 56 13 17 108 1 59 0.01 10.0 146 0.01
KL32-09 566.5 568.8 1.89 18900 0.8 3.3 41 12 12 51 1 80 0.01 11.0 140 0.01
KL32-09 568.8 572.5 0.55 5500 0.2 0.6 16 8 0.01 129 0.01 47 0.01 5.8 93 0.01
KL32-09 572.5 575.5 0.53 5300 0.17 0.6 24 9 0.01 78 0.01 45 0.01 5.0 98 0.01
KL32-09 575.5 578.5 1 10000 0.23 1 39 14 0.01 114 0.01 15 0.01 4.6 90 0.01
KL32-09 578.5 581.5 0.79 7900 0.18 0.8 41 17 1 123 0.01 12 0.01 3.5 107 0.01
KL32-09 581.5 584.5 0.73 7300 0.19 0.7 33 16 1 175 0.01 7 0.01 3.3 96 0.01
KL32-09 584.5 587.5 0.56 5600 0.2 0.7 23 7 0.01 102 0.01 6 0.01 3.0 70 0.01
KL32-09 587.5 590.5 0.55 5500 0.2 1.1 13 7 0.01 621 0.01 5 0.01 2.6 73 0.01
KL32-09 590.5 593.5 0.78 7800 0.25 1.2 14 6 0.01 248 0.01 6 0.01 2.3 87 0.01
KL32-09 593.5 596.5 0.84 8400 0.2 1 59 17 1 280 0.01 4 0.01 2.8 96 0.01
KL32-09 596.5 599.5 0.74 7400 0.23 0.7 28 10 0.01 308 0.01 4 0.01 2.8 120 0.01
KL32-09 599.5 602.5 0.75 7500 0.29 0.7 22 5 0.01 275 0.01 3 0.01 2.3 118 0.01
KL32-09 602.5 605.5 0.67 6700 0.27 1.1 15 6 0.01 300 0.01 4 0.01 2.5 81 0.01
KL32-09 605.5 608.5 0.58 5800 0.24 1 21 6 0.01 214 0.01 4 0.01 3.3 76 0.01
KL32-09 608.5 611.5 0.8 8000 0.39 1.2 18 5 0.01 190 0.01 5 0.01 1.9 58 0.01
KL32-10 0 2.5 0.0028 28 0.01 0.01 217 51 5 3 0.01 0.01 0.5 1.3 14 0.01
KL32-10 2.5 5.5 0.0045 45 0.01 0.01 107 41 7 3 0.01 0.01 0.3 1.2 16 0.01
KL32-10 5.5 8.5 0.0018 18 0.02 0.01 129 39 4 4 0.01 0.01 1.1 1.3 21 0.01
KL32-10 8.5 11.2 0.0038 38 0.02 0.01 160 38 4 3 0.01 0.01 0.6 0.9 19 0.01
KL32-10 11.2 14.1 0.0026 26 0.02 0.01 157 52 4 4 0.01 0.01 0.8 0.8 16 0.01
KL32-10 14.1 17.5 0.0022 22 0.01 0.01 193 42 3 4 0.01 0.01 0.7 1.7 16 0.01
KL32-10 17.5 19.9 0.002 20 0.02 0.01 109 49 2 3 0.01 0.01 0.5 1.4 15 0.01
KL32-10 19.9 23.5 0.0015 15 0.02 0.01 239 58 3 3 0.01 0.01 0.8 1.2 19 0.01
KL32-10 23.5 27.3 0.0012 12 0.03 0.01 179 47 2 4 0.01 0.01 0.7 1.8 20 0.01
KL32-10 27.3 29.5 0.0073 73 0.03 0.01 88 31 2 5 0.01 0.01 0.4 0.8 20 0.01
KL32-10 29.5 32.6 0.0047 47 0.03 0.01 142 48 3 3 0.01 0.01 0.3 1.3 22 0.01
KL32-10 32.6 35.2 0.0017 17 0.02 0.01 123 29 4 2 0.01 0.01 0.7 1.5 17 0.01
KL32-10 35.2 38.5 0.0036 36 0.01 0.01 106 25 2 3 0.01 0.01 0.7 1.1 19 0.01
KL32-10 38.5 41.5 0.0016 16 0.03 0.01 195 56 4 3 0.01 0.01 0.3 1.1 15 0.01
KL32-10 41.5 45.8 0.0043 43 0.01 0.01 82 24 3 0.01 0.01 0.01 0.2 1.0 25 0.01
KL32-10 45.8 48.6 0.0008 8 0.01 0.01 57 16 3 2 0.01 0.01 0.4 0.7 23 0.01
KL32-10 48.6 50.5 0.0029 29 0.01 0.01 56 15 6 3 0.01 0.01 0.5 1.2 28 0.01
KL32-10 50.5 53.5 0.0026 26 0.01 0.01 34 11 4 2 0.01 0.01 0.01 1.0 29 0.01
KL32-10 53.5 56.5 0.0023 23 0.01 0.01 67 19 6 3 0.01 0.01 0.9 0.5 26 0.01
KL32-10 56.5 59.5 0.001 10 0.04 0.01 190 40 4 4 0.01 0.01 1.7 1.3 21 0.01
KL32-10 59.5 62.1 0.0035 35 0.03 0.01 88 20 5 4 1 0.01 1.4 1.3 31 0.01
KL32-10 62.1 65.5 0.0031 31 0.01 0.01 77 20 5 4 0.01 0.01 0.4 1.1 25 0.01
KL32-10 65.5 68.4 0.0014 14 0.06 0.5 470 31 6 2 0.01 0.01 2.3 1.7 23 0.19
KL32-10 68.4 71.5 0.0019 19 0.05 0.01 267 39 8 3 0.01 0.01 0.9 1.3 20 0.1
KL32-10 71.5 73.4 0.0014 14 0.04 0.01 105 29 4 0.01 0.01 0.01 2.4 1.1 23 0.01
KL32-10 73.4 75.4 0.0017 17 0.03 0.01 92 19 3 3 0.01 0.01 0.9 1.3 20 0.01
KL32-10 75.4 78.4 0.0014 14 0.02 0.01 60 19 2 2 0.01 0.01 0.5 0.7 21 0.01
KL32-10 78.4 81.9 0.0009 9 0.07 0.01 95 30 3 2 0.01 0.01 0.8 1.5 31 0.01
KL32-10 81.9 84.7 0.0017 17 0.03 0.01 60 16 4 2 0.01 0.01 0.01 0.8 20 0.01
KL32-10 84.7 87.6 0.0019 19 0.02 0.01 57 18 3 3 0.01 0.01 0.3 0.7 19 0.01
KL32-10 87.6 90.7 0.0021 21 0.01 0.01 42 12 5 4 0.01 0.01 0.01 1.4 19 0.01
KL32-10 90.7 92.5 0.0035 35 0.01 0.01 45 15 3 4 0.01 0.01 0.2 0.6 20 0.01
KL32-10 92.5 95.5 0.0015 15 0.02 0.01 35 23 11 6 0.01 0.01 0.8 1.6 46 0.01
KL32-10 95.5 98 0.0037 37 0.06 0.01 45 17 6 6 0.01 0.01 0.4 1.1 55 0.01
KL32-10 98 101.5 0.0022 22 0.15 0.01 130 26 7 3 0.01 0.01 0.7 1.0 49 0.1



Appendix V - 231 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-10 101.5 104.5 0.0019 19 0.17 0.01 155 23 13 6 0.01 0.01 0.8 1.3 42 0.1
KL32-10 104.5 107.5 0.0118 118 0.29 0.01 93 20 16 6 0.01 0.01 1.4 1.2 35 0.1
KL32-10 107.5 110.4 0.0059 59 0.08 0.01 67 19 5 4 0.01 0.01 0.5 0.5 28 0.11
KL32-10 110.4 113.5 0.0078 78 0.03 0.01 43 17 5 3 0.01 0.01 0.2 0.6 30 0.01
KL32-10 113.5 116.5 0.0086 86 0.14 0.01 51 16 7 3 0.01 0.01 0.4 0.7 40 0.01
KL32-10 116.5 119.5 0.0038 38 0.08 0.01 76 25 5 3 0.01 0.01 0.8 0.7 28 0.1
KL32-10 119.5 122.5 0.003 30 0.06 0.01 32 16 6 4 0.01 0.01 0.3 1.0 20 0.01
KL32-10 122.5 125.5 0.0037 37 0.01 0.01 23 24 2 0.01 0.01 0.01 0.4 0.0 25 0.01
KL32-10 125.5 128.5 0.0025 25 0.01 0.01 25 11 5 3 0.01 0.01 0.3 1.1 19 0.01
KL32-10 128.5 131.5 0.002 20 0.01 0.01 29 12 7 3 0.01 0.01 0.5 1.3 24 0.01
KL32-10 131.5 134.8 0.0017 17 0.02 0.01 29 13 7 2 0.01 0.01 0.5 1.5 29 0.01
KL32-10 134.8 137.5 0.001 10 0.01 0.01 16 10 8 2 0.01 0.01 0.3 1.2 20 0.01
KL32-10 137.5 140.5 0.0019 19 0.01 0.01 24 15 11 4 0.01 0.01 0.7 1.0 20 0.01
KL32-10 140.5 143.5 0.0019 19 0.03 0.01 21 17 10 2 0.01 0.01 0.6 0.9 19 0.01
KL32-10 143.5 146.5 0.0025 25 0.01 0.01 22 14 17 4 0.01 0.01 1.1 1.0 20 0.01
KL32-10 146.5 149.5 0.0014 14 0.04 0.01 32 24 12 4 0.01 0.01 1.9 2.0 26 0.01
KL32-10 149.5 152.5 0.0028 28 0.17 0.01 24 19 13 3 0.01 0.01 1.8 2.6 22 0.01
KL32-10 152.5 155.4 0.0018 18 0.06 0.01 13 13 7 2 0.01 0.01 0.8 1.1 18 0.01
KL32-10 155.4 158.5 0.0011 11 0.08 0.01 16 12 15 3 0.01 0.01 0.7 1.6 18 0.01
KL32-10 158.5 161.4 0.002 20 0.01 0.01 15 15 8 2 0.01 0.01 0.9 1.0 20 0.01
KL32-10 161.4 164.4 0.0014 14 0.02 0.01 41 16 15 6 0.01 0.01 0.9 1.2 22 0.01
KL32-10 164.4 167.5 0.001 10 0.01 0.01 15 13 15 3 0.01 0.01 0.8 1.3 15 0.01
KL32-10 167.5 170.5 0.0018 18 0.03 0.01 21 14 13 2 0.01 0.01 1.4 1.3 19 0.01
KL32-10 170.5 173.5 0.0044 44 0.23 0.7 28 23 5 6 0.01 0.01 3.2 1.7 29 0.01
KL32-10 173.5 176.5 0.0033 33 0.15 0.6 50 28 15 4 0.01 0.01 2 1.6 23 0.01
KL32-10 176.5 179.5 0.0026 26 0.18 0.6 54 28 14 3 0.01 0.01 2.5 1.1 17 0.1
KL32-10 179.5 182.5 0.0019 19 0.2 0.5 30 20 21 4 0.01 0.01 1.6 2.2 18 0.1
KL32-10 182.5 184.7 0.0041 41 0.07 0.01 31 23 14 4 0.01 0.01 1.6 2.6 22 0.01
KL32-10 184.7 187.7 0.003 30 0.08 0.01 29 23 12 0.01 0.01 0.01 1.5 3.2 20 0.01
KL32-10 187.7 190.5 0.0031 31 0.04 0.01 26 22 8 0.01 0.01 0.01 1.5 1.4 14 0.01
KL32-10 190.5 194.5 0.0014 14 0.03 0.01 37 31 8 0.01 0.01 0.01 1.2 1.1 15 0.01
KL32-10 194.5 197.5 0.0008 8 0.01 0.01 55 86 12 2 0.01 0.01 1 1.7 15 0.01
KL32-10 197.5 200.5 0.0015 15 0.05 0.01 243 77 21 3 0.01 0.01 2.5 3.3 20 0.01
KL32-10 200.5 203.2 0.0142 142 0.17 13.5 5500 10400 160 5 0.01 0.01 32 61.0 24 0.5
KL32-10 203.2 206.2 0.0164 164 0.05 1.6 192 1110 50 4 0.01 3 5.2 4.8 27 0.01
KL32-10 206.2 210 0.0095 95 0.05 0.6 195 124 74 3 0.01 0.01 3.7 2.7 19 0.01
KL32-10 210 212.5 0.0037 37 0.05 0.5 54 116 32 4 0.01 3 1.9 1.7 23 0.1
KL32-10 212.5 215.5 0.004 40 0.06 0.01 27 45 11 4 0.01 0.01 1.8 1.8 15 0.01
KL32-10 215.5 218.5 0.0034 34 0.04 0.01 21 27 13 4 0.01 2 1.4 2.7 21 0.01
KL32-10 218.5 221.5 0.0013 13 0.02 0.01 19 25 13 3 0.01 0.01 0.9 1.3 16 0.01
KL32-10 221.5 224.5 0.0066 66 0.04 0.01 52 28 13 3 0.01 0.01 1.8 1.2 20 0.01
KL32-10 224.5 227.5 0.0091 91 0.01 0.01 62 53 10 2 0.01 0.01 1.4 0.8 30 0.01
KL32-10 227.5 230.5 0.0075 75 0.02 0.01 65 32 7 2 0.01 0.01 1.7 1.5 53 0.01
KL32-10 230.5 233.5 0.0112 112 0.02 0.01 44 23 7 0.01 0.01 0.01 1.6 1.2 38 0.01
KL32-10 233.5 236.5 0.0109 109 0.02 0.5 45 22 4 2 0.01 2 1.5 0.7 38 0.01
KL32-10 236.5 239.4 0.005 50 0.04 0.5 85 46 6 2 0.01 0.01 3.1 1.5 25 0.01
KL32-10 239.4 242.9 0.006 60 0.02 0.01 41 32 6 2 0.01 0.01 0.9 2.1 28 0.01
KL32-10 242.9 245.4 0.0109 109 0.05 1.2 117 105 32 3 0.01 0.01 3.1 3.5 17 0.01
KL32-10 245.4 248.4 0.007 70 0.04 0.01 37 23 9 3 0.01 0.01 0.8 1.6 31 0.01
KL32-10 248.4 251.6 0.0083 83 0.02 0.01 25 16 6 3 0.01 2 0.6 1.3 26 0.01
KL32-10 251.6 254.5 0.0051 51 0.01 0.01 22 12 4 2 0.01 2 0.5 1.2 27 0.01
KL32-10 254.5 257.5 0.0012 12 0.01 0.01 20 10 7 2 0.01 2 0.8 1.0 38 0.01
KL32-10 257.5 260.5 0.0011 11 0.13 0.01 29 18 10 3 0.01 0.01 1.6 1.6 38 0.01
KL32-10 260.5 263.5 0.0041 41 0.01 0.6 23 15 11 3 0.01 3 1.4 1.0 21 0.01
KL32-10 263.5 266.5 0.0013 13 0.15 0.01 35 17 17 4 0.01 2 1.5 1.9 21 0.01
KL32-10 266.5 269.5 0.0013 13 0.06 0.01 29 19 22 5 0.01 2 1.3 1.0 28 0.01
KL32-10 269.5 272.3 0.0015 15 0.13 0.01 35 16 20 4 0.01 3 1.2 1.4 24 0.01
KL32-10 272.3 275.4 0.0009 9 0.02 0.01 25 19 20 4 0.01 3 2.1 1.2 22 0.01
KL32-10 275.4 278.5 0.0016 16 0.02 0.01 36 25 20 6 0.01 2 1.9 2.6 19 0.01
KL32-10 278.5 281.5 0.0018 18 0.01 0.01 19 21 17 8 0.01 0.01 2.7 2.3 24 0.01
KL32-10 281.5 284.5 0.0064 64 0.04 0.01 59 40 24 5 0.01 2 2.2 3.1 23 0.01
KL32-10 284.5 287.5 0.0051 51 0.02 0.01 47 15 17 6 0.01 2 1.4 3.1 22 0.01
KL32-10 287.5 290.5 0.041 410 0.05 0.6 76 16 25 5 0.01 3 1 2.4 21 0.01



Appendix V - 232 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-10 290.5 293.5 0.0118 118 0.03 0.01 40 14 25 5 0.01 2 1 1.4 21 0.13
KL32-10 293.5 296.5 0.0061 61 0.01 0.01 26 17 21 5 0.01 2 0.9 1.1 30 0.01
KL32-10 296.5 299.5 0.0188 188 0.01 0.01 37 13 22 5 0.01 3 0.5 0.9 35 0.01
KL32-10 299.5 302.5 0.0055 55 0.01 0.01 47 14 25 5 0.01 0.01 0.7 1.0 31 0.01
KL32-10 302.5 305.3 0.0037 37 0.01 0.01 30 21 15 6 0.01 3 0.8 1.9 28 0.01
KL32-10 305.3 308.4 0.007 70 0.01 0.01 26 14 20 3 0.01 2 0.6 1.7 30 0.01
KL32-10 308.4 311.4 0.0041 41 0.01 0.01 25 18 18 2 0.01 2 0.7 2.1 22 0.01
KL32-10 311.4 314.5 0.0017 17 0.01 0.01 21 12 21 3 0.01 2 0.5 1.7 21 0.01
KL32-10 314.5 317.7 0.0101 101 0.01 0.01 25 15 22 2 0.01 2 0.7 1.8 21 0.01
KL32-10 317.7 337.7
KL32-10 337.7 365.2
KL32-10 365.2 371.7
KL32-10 371.7 380.2
KL32-10 380.2 389.2
KL32-10 389.2 404.2
KL32-10 404.2 416.2
KL32-10 416.2 422.2
KL32-10 422.2 437.2
KL32-10 437.2 477.2
KL32-10 477.2 518.5
KL32-11 0 2.7 0.0045 45 0.03 0.7 312 105 9 56 0.01 0.01 1.1 1.1 93 0.01
KL32-11 2.7 5.7 0.001 10 0.01 0.01 261 53 5 5 0.01 0.01 0.3 0.9 44 0.01
KL32-11 5.7 8.7 0.0011 11 0.01 0.01 264 96 11 4 0.01 2 0.6 1.8 32 0.01
KL32-11 8.7 11.7 0.0013 13 0.01 0.01 88 41 7 6 0.01 0.01 1.3 1.3 49 0.01
KL32-11 11.7 14.7 0.0014 14 0.01 0.5 245 59 8 5 1 0.01 0.4 1.2 32 0.01
KL32-11 14.7 17.7 0.0176 176 0.01 2.2 314 328 36 3 6 2 1.1 7.0 47 0.01
KL32-11 17.7 20.7 0.0017 17 0.01 0.01 67 46 14 6 0.01 0.01 0.9 1.6 32 0.01
KL32-11 20.7 23.7 0.0014 14 0.01 0.01 142 86 14 7 1 0.01 1 1.5 42 0.01
KL32-11 23.7 26.7 0.0013 13 0.01 0.01 136 79 15 6 1 0.01 0.4 1.5 57 0.01
KL32-11 26.7 29.7 0.0012 12 0.01 0.5 299 104 10 6 1 0.01 0.5 3.0 15 0.01
KL32-11 29.7 32.7 0.0013 13 0.01 0.01 139 91 12 5 1 0.01 0.8 1.9 39 0.01
KL32-11 32.7 35.7 0.0019 19 0.01 0.01 52 43 11 4 0.01 0.01 0.5 1.1 26 0.01
KL32-11 35.7 38.7 0.0023 23 0.01 0.01 108 55 19 6 1 0.01 0.5 1.8 40 0.01
KL32-11 38.7 41.7 0.136 1360 0.04 0.9 450 202 14 11 1 3 0.7 3.1 29 0.01
KL32-11 41.7 44.7 0.0076 76 0.04 7.6 4100 2610 50 9 0.01 0.01 4.6 19.9 23 0.01
KL32-11 44.7 47.2 0.003 30 0.01 1.2 297 317 20 6 1 0.01 0.7 1.8 32 0.01
KL32-11 47.2 50.3 0.0016 16 0.06 1.3 440 740 27 6 1 0.01 1.2 1.5 22 0.01
KL32-11 50.3 53.4 0.0029 29 0.08 1.3 1020 790 24 6 1 2 1.5 1.7 26 0.01
KL32-11 53.4 56.5 0.0007 7 0.01 1 148 760 19 5 0.01 3 0.9 0.7 26 0.01
KL32-11 56.5 59.6 0.0015 15 0.31 0.7 1130 660 31 16 1 0.01 2.3 5.3 26 0.01
KL32-11 59.6 62.7 0.0113 113 0.29 2.3 1630 2060 33 12 2 0.01 3.5 6.0 29 0.01
KL32-11 62.7 65.7 0.0051 51 0.31 2.6 1620 2630 41 6 1 0.01 5 4.0 18 0.26
KL32-11 65.7 68.7 0.0056 56 0.23 2.8 3790 4000 46 5 1 0.01 5.5 13.3 22 0.16
KL32-11 68.7 71.7 0.0125 125 0.5 4.1 930 3320 120 36 6 3 6.8 15.5 53 0.28
KL32-11 71.7 74.7 0.0052 52 0.42 2.4 1520 1120 69 32 2 0.01 4 6.3 32 0.15
KL32-11 74.7 77.7 0.0043 43 0.26 1.4 730 335 52 14 2 0.01 1.7 3.0 23 0.18
KL32-11 77.7 80.7 0.0057 57 0.7 3.8 3600 1900 81 63 2 3 5.6 5.5 43 0.16
KL32-11 80.7 83.5 0.0022 22 0.07 0.6 460 142 25 15 1 0.01 1.1 2.0 26 0.01
KL32-11 83.5 85.9 0.0021 21 0.13 0.7 1550 550 39 8 2 0.01 2.8 2.5 25 0.01
KL32-11 85.9 88.8 0.0077 77 0.27 3.1 2630 1860 43 14 5 2 6.5 5.3 47 0.18
KL32-11 88.8 91 0.0043 43 0.31 2.5 3300 1670 74 14 5 2 4.5 9.4 29 0.18
KL32-11 91 92.5 0.0022 22 0.16 0.9 267 388 58 27 7 0.01 3.5 5.5 25 0.01
KL32-11 92.5 94.6 0.0083 83 0.1 1 402 264 70 27 8 0.01 1.8 3.5 26 0.01
KL32-11 94.6 97.6 0.0131 131 0.08 1.4 670 460 75 37 12 0.01 2 2.7 25 0.01
KL32-11 97.6 99.4 0.0062 62 0.68 2.1 800 378 70 60 7 2 5.9 6.1 49 0.17
KL32-11 99.4 101.7 0.0067 67 0.42 3 2160 1110 55 90 19 0.01 4.4 5.1 42 0.15
KL32-11 101.7 104.7 0.0061 61 0.16 5.1 5600 2900 41 82 15 0.01 2.6 4.5 43 0.01
KL32-11 104.7 107.7 0.0154 154 0.41 3.6 5200 2400 47 11 10 0.01 3 4.4 40 0.01
KL32-11 107.7 110.7 0.023 230 0.18 7.3 3020 3650 73 3 15 4 5 2.8 45 0.01
KL32-11 110.7 113.7 0.072 720 0.04 5.1 810 1120 18 230 12 5 1.8 9.0 34 0.01
KL32-11 113.7 116.7 0.161 1610 0.13 2.9 450 322 60 9 4 5 12.4 14.7 23 0.01
KL32-11 116.7 119.7 0.056 560 0.03 7.6 257 880 29 391 20 8 2.4 9.0 52 0.01
KL32-11 119.7 122.7 0.305 3050 0.11 7.8 170 440 120 620 15 9 3.6 12.8 149 0.01



Appendix V - 233 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-11 122.7 125.2 0.078 780 0.08 2.6 266 358 80 1570 3 6 6.2 8.8 106 0.01
KL32-11 125.2 128.2 0.069 690 0.02 2.1 82 84 27 97 3 4 2.6 4.0 84 0.01
KL32-11 128.2 129.8 0.051 510 0.14 15 1420 1930 81 510 30 6 6.7 18.8 135 0.01
KL32-11 129.8 131.7 0.0372 372 0.03 1.3 193 510 21 67 2 6 1.6 2.7 141 0.01
KL32-11 131.7 134.5 0.0023 23 0.04 0.7 450 93 10 18 1 0.01 1.8 1.8 57 0.01
KL32-11 134.5 137.6 0.0171 171 0.04 1.2 261 670 21 57 1 4 1.6 2.6 189 0.01
KL32-11 137.6 140.7 0.095 950 0.09 2.5 262 410 89 1650 4 6 4.8 8.2 101 0.01
KL32-11 140.7 143.7 0.0009 9 0.01 0.01 248 45 6 4 0.01 0.01 0.2 0.6 46 0.01
KL32-11 143.7 146.7 0.191 1910 0.17 5.7 800 570 80 248 28 3 4.1 11.5 126 0.01
KL32-11 146.7 148.6 0.0214 214 0.02 0.7 150 118 45 34 2 4 2.4 4.8 206 0.01
KL32-11 148.6 151 0.054 540 0.04 2.1 710 590 120 112 2 7 5.2 2.8 145 0.01
KL32-11 151 152.3 0.0171 171 0.03 0.7 59 48 13 40 1 5 0.9 2.5 122 0.01
KL32-11 152.3 154.6 0.206 2060 0.13 10.7 720 990 75 118 40 6 4.6 21.1 85 0.01
KL32-11 154.6 157.7 0.256 2560 0.09 4.1 295 280 21 33 2 8 1.6 9.0 65 0.01
KL32-11 157.7 159.5 0.501 5010 0.24 23.8 800 1530 83 251 258 14 3.8 72.5 111 0.01
KL32-11 159.5 161.7 0.0031 31 0.05 0.6 395 99 13 34 0.01 0.01 2.4 1.5 59 0.01
KL32-11 161.7 164.7 0.174 1740 0.05 2.8 205 241 39 86 3 8 5 12.0 136 0.01
KL32-11 164.7 167 0.213 2130 0.08 4.6 343 510 43 89 11 7 4.8 22.0 109 0.01
KL32-11 167 169.8 0.17 1700 0.18 10.1 2720 2520 65 210 82 12 2.9 72.5 96 0.01
KL32-11 169.8 171.6 0.106 1060 0.04 2.4 262 263 100 35 0.01 3 3.8 4.8 145 0.01
KL32-11 171.6 173.7 0.312 3120 0.2 9.5 3750 2170 140 140 4 7 7.8 8.8 104 0.01
KL32-11 173.7 176.7 0.0344 344 0.08 1.8 293 374 42 248 1 6 2.5 2.6 82 0.01
KL32-11 176.7 179.7 0.32 3200 0.19 18.8 2400 8800 54 358 18 21 15.6 16.1 66 0.01
KL32-11 179.7 182.7 1.55 15500 0.41 29 6300 4800 600 254 21 30 12.9 5.0 112 0.01
KL32-11 182.7 184.8 0.146 1460 0.21 25 10900 14700 430 43 12 26 24.5 15.5 73 0.01
KL32-11 184.8 187.8 0.3 3000 0.31 67 21000 38100 1410 67 24 68 67 15.5 110 0.01
KL32-11 187.8 190.9 0.76 7600 0.52 27 2300 2300 150 486 32 19 6.2 37.5 72 0.01
KL32-11 190.9 194 0.37 3700 0.12 12.3 1520 1400 130 266 5 15 3.6 33.5 76 0.01
KL32-11 194 196.9 0.23 2300 0.16 56 73000 39500 120 52 21 10 60 42.0 38 0.1
KL32-11 196.9 198.2 0.131 1310 0.09 21.7 27900 10000 220 45 30 8 10 55.5 25 0.12
KL32-11 198.2 200.4 0.0202 202 0.09 3.2 4130 1320 31 24 4 0.01 3.5 8.5 18 0.01
KL32-11 200.4 202.9 0.142 1420 0.07 36 10700 20200 100 85 62 3 9.4 31.5 19 0.16
KL32-11 202.9 206 0.0276 276 0.04 11 4900 4800 43 21 18 0.01 6.3 7.0 28 0.01
KL32-11 206 209.3 0.0023 23 0.05 1.6 440 1050 25 11 0.01 0.01 2.4 1.8 24 0.01
KL32-11 209.3 212.4 0.0246 246 0.03 3.7 2250 1850 13 85 8 0.01 1.7 6.3 15 0.01
KL32-11 212.4 214.7 0.0259 259 0.04 1.3 770 740 8 17 3 2 1.2 4.0 15 0.01
KL32-11 214.7 217.8 0.0037 37 0.02 1.1 540 850 6 10 2 0.01 0.9 4.0 22 0.01
KL32-11 217.8 219.6 0.176 1760 0.13 3.8 1810 3010 23 17 6 3 3.6 8.5 31 0.01
KL32-11 219.6 221.1 0.0034 34 0.01 1 540 830 5 11 1 3 1 2.7 22 0.01
KL32-11 221.1 223.9 0.007 70 0.02 0.9 810 1400 6 8 2 2 1.6 2.6 20 0.01
KL32-11 223.9 225.1 0.06 600 0.01 1.7 156 379 10 15 1 0.01 1.2 1.5 72 0.01
KL32-11 225.1 227.3 0.087 870 0.08 3.7 1740 1820 26 20 9 3 5.2 6.8 18 0.01
KL32-11 227.3 230.4 0.0309 309 0.04 3.8 3540 2970 40 28 8 0.01 4.3 4.3 23 0.01
KL32-11 230.4 233.3 0.0335 335 0.05 4 2750 2770 38 36 6 0.01 4.8 4.5 22 0.01
KL32-11 233.3 235.8 0.0125 125 0.02 3.7 2640 3640 23 17 7 0.01 5.6 7.8 22 0.01
KL32-11 235.8 237.7 0.0072 72 0.04 3.4 1400 1590 26 10 7 0.01 3.6 4.0 22 0.01
KL32-11 237.7 239.7 0.0106 106 0.02 3.6 1690 860 34 24 9 3 6.1 6.8 14 0.01
KL32-11 239.7 242 0.083 830 0.08 11.5 13800 20700 14 17 6 3 13.4 18.0 27 0.1
KL32-11 242 244.5 0.0079 79 0.03 1.5 1020 356 12 14 4 0.01 3.2 2.8 9 0.01
KL32-11 244.5 245.7 0.0088 88 0.03 1.9 3950 1420 13 13 14 0.01 2.2 4.5 8 0.01
KL32-11 245.7 247.8 0.079 790 0.13 54 30000 11900 95 40 160 9 18 70.8 16 0.16
KL32-11 247.8 250.9 0.63 6300 0.78 16.1 3510 1570 41 44 69 18 4.4 15.5 19 0.01
KL32-11 250.9 254 0.029 290 0.06 3.4 4400 1410 29 17 5 0.01 8 6.8 17 0.11
KL32-11 254 255 0.021 210 0.08 2.2 2730 750 29 11 5 3 5.7 6.3 13 0.14
KL32-11 255 257.4 0.0235 235 0.1 3.3 2140 880 23 23 7 3 6 7.3 11 0.01
KL32-11 257.4 260.4 0.0136 136 0.04 5.5 5900 1900 17 17 16 0.01 6.5 4.3 9 0.14
KL32-11 260.4 262.9 0.011 110 0.02 1.8 1550 500 8 8 4 3 1.7 4.5 13 0.01
KL32-11 262.9 266 0.053 530 0.09 2.7 1430 760 15 21 7 3 2.5 10.0 15 0.01
KL32-11 266 269 0.0286 286 0.04 11.2 5900 2100 30 11 41 3 6.3 16.1 18 0.01
KL32-11 269 271.2 0.0095 95 0.03 3.2 2930 1030 9 11 7 0.01 2.7 7.0 13 0.1
KL32-11 271.2 272.7 0.008 80 0.01 2.9 2590 820 13 13 8 0.01 2.6 8.0 13 0.1
KL32-11 272.7 275.7 0.0104 104 0.03 2.1 1270 590 18 12 4 4 2.1 3.8 16 0.01
KL32-11 275.7 278.7 0.0291 291 0.03 1.1 1250 306 17 8 2 3 1.5 3.5 19 0.01



Appendix V - 234 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-11 278.7 281.7 0.0145 145 0.01 0.9 840 252 15 14 1 3 1.2 4.3 25 0.01
KL32-11 281.7 284.7 0.0151 151 0.01 0.6 427 153 20 5 2 3 0.8 2.5 18 0.01
KL32-11 284.7 287.7 0.0174 174 0.03 1.2 1330 130 16 9 3 3 2.1 4.5 16 0.01
KL32-11 287.7 290 0.99 9900 1.28 4.3 960 61 11 47 2 17 0.4 11.5 45 0.01
KL32-11 290 293.1 0.082 820 0.11 7.6 9800 3200 190 8 6 9 36.5 15.8 21 0.44
KL32-11 293.1 296.2 0.0367 367 0.05 1.9 4050 620 63 7 2 7 5.6 12.3 27 0.1
KL32-11 296.2 298.1 0.0174 174 0.03 0.8 1120 140 15 8 3 4 1.7 2.3 15 0.01
KL32-11 298.1 300.4 0.0307 307 0.05 1.4 4810 275 49 10 3 4 3.3 6.5 17 0.01
KL32-11 300.4 302.4 0.48 4800 0.48 1.6 6700 58 51 11 2 27 4 14.5 50 0.01
KL32-11 302.4 305.5 0.94 9400 1.24 5 2400 99 72 32 2 14 7.8 19.0 20 0.01
KL32-11 305.5 308.6 0.91 9100 0.93 5.3 6700 106 35 47 2 19 2.3 16.5 30 0.01
KL32-11 308.6 311.3 0.478 4780 0.6 1.3 680 43 20 124 0.01 14 1.8 7.5 21 0.01
KL32-11 311.3 313.8 0.165 1650 0.24 1.2 1460 175 29 71 1 17 5.8 6.5 36 0.01
KL32-11 313.8 316.9 0.134 1340 0.24 0.8 205 29 20 451 2 10 0.8 4.5 17 0.01
KL32-11 316.9 318.8 0.3 3000 0.43 1.5 144 25 21 540 2 13 2.7 7.8 28 0.01
KL32-11 318.8 320.7 0.424 4240 0.35 1.6 204 55 30 387 1 16 4.5 9.0 20 0.01
KL32-11 320.7 322.4 0.425 4250 0.07 0.9 920 35 21 140 0.01 31 1.4 7.8 19 0.01
KL32-11 322.4 323.7 1.52 15200 0.95 4 7000 19 28 96 0.01 134 0.7 14.0 25 0.01
KL32-11 323.7 326.7 0.52 5200 0.47 2.8 1520 28 31 81 1 36 1.6 7.3 26 0.01
KL32-11 326.7 329.7 0.78 7800 0.52 2.3 4700 18 23 183 1 57 1.8 9.8 47 0.01
KL32-11 329.7 331.9 0.62 6200 0.5 2.9 790 26 18 17 0.01 35 0.7 4.5 37 0.01
KL32-11 331.9 334 0.451 4510 0.36 3.4 760 68 31 201 1 25 1.5 2.8 40 0.01
KL32-11 334 335.7 0.364 3640 0.56 3.5 850 500 38 680 4 23 1 9.3 17 0.01
KL32-11 335.7 338.2 0.26 2600 0.28 3.1 700 170 32 38 3 21 1 3.4 50 0.01
KL32-11 338.2 341.3 0.22 2200 0.1 0.8 102 36 2 58 0.01 8 0.2 4.0 60 0.01
KL32-11 341.3 344.1 0.46 4600 0.33 3.8 10200 186 30 8 7 31 1.3 14.8 21 0.01
KL32-11 344.1 346.3 0.35 3500 0.23 4.4 15800 305 39 7 4 35 2.5 15.5 38 0.01
KL32-11 346.3 347.7 0.38 3800 0.2 4.5 5400 640 51 40 8 16 1.4 4.3 11 0.01
KL32-11 347.7 350.2 0.211 2110 0.19 2.3 3240 70 70 6 2 16 5.3 3.8 23 0.01
KL32-11 350.2 353.2 0.298 2980 0.39 1.7 3810 65 48 36 1 32 7.3 10.8 31 0.01
KL32-11 353.2 356.3 0.88 8800 1.98 3.3 2080 570 15 114 3 48 4.3 12.5 42 0.01
KL32-11 356.3 358.4 0.27 2700 0.74 1.4 2250 1240 30 19 2 9 2.8 10.8 27 0.01
KL32-11 358.4 359.7 1.03 10300 1.67 2.8 128 37 18 27 2 12 0.6 9.0 43 0.01
KL32-11 359.7 362.7 0.54 5400 0.87 2.1 410 60 22 68 6 41 0.4 20.5 27 0.01
KL32-11 362.7 365.7 0.334 3340 0.37 0.9 106 38 14 125 1 6 0.3 4.0 91 0.01
KL32-11 365.7 368.7 1.25 12500 1.12 2.8 440 26 24 76 0.01 22 0.5 6.7 21 0.01
KL32-11 368.7 371.7 0.457 4570 0.68 0.9 269 24 14 15 2 15 0.4 5.5 13 0.01
KL32-11 371.7 374.7 3.81 38100 2.08 10.8 440 30 2 521 1 33 0.6 25.0 54 0.01
KL32-11 374.7 377.7 1.15 11500 1.98 8.5 23700 94 41 23 9 29 2 17.5 41 0.01
KL32-11 377.7 380.7 2.07 20700 1.92 13 4000 100 77 9 6 32 5.3 16.0 58 0.01
KL32-11 380.7 383.7 0.97 9700 1.75 4.6 2400 21 42 27 26 23 0.5 22.0 30 0.01
KL32-11 383.7 386.7 2.68 26800 2.25 23.1 5300 23 26 58 2 30 0.7 20.0 46 0.01
KL32-11 386.7 389.7 3.81 38100 1.87 5.3 395 22 1 13 1 30 0.6 17.5 25 0.01
KL32-11 389.7 392.7 1.78 17800 1.23 3.9 4500 12 15 20 0.01 38 0.2 19.0 36 0.01
KL32-11 392.7 395.1 1.66 16600 1.25 3.8 249 36 3 128 0.01 17 0.8 10.0 75 0.01
KL32-11 395.1 397.4 0.474 4740 1.07 6 1380 101 29 19 5 21 1.5 8.0 25 0.01
KL32-11 397.4 398.7 0.69 6900 0.46 2.4 217 47 2 67 0.01 9 0.01 8.0 68 0.01
KL32-11 398.7 401.7 0.398 3980 0.31 2.5 1460 133 12 28 1 8 1.2 8.3 64 0.01
KL32-11 401.7 404.7 0.501 5010 0.33 1.8 400 139 2 19 0.01 8 0.3 5.8 72 0.01
KL32-11 404.7 407.7 1.39 13900 1.24 2.9 760 41 8 56 1 12 0.01 10.5 52 0.01
KL32-11 407.7 410.7 0.74 7400 0.35 1.6 101 38 2 38 0.01 9 0.2 5.0 84 0.01
KL32-11 410.7 413.7 0.75 7500 0.37 3.3 900 134 18 61 2 15 2.5 7.3 102 0.01
KL32-11 413.7 416.7 1.03 10300 0.43 2.5 225 88 1 18 1 10 0.01 7.5 83 0.01
KL32-11 416.7 419.7 0.97 9700 0.36 2.8 232 178 1 17 1 9 0.01 5.5 80 0.01
KL32-11 419.7 422.7 0.461 4610 0.18 1.1 336 430 0.01 16 0.01 6 0.3 4.5 77 0.01
KL32-11 422.7 425.7 0.56 5600 0.25 1 320 290 2 19 2 6 1.2 5.3 83 0.01
KL32-11 425.7 428.7 0.69 6900 0.35 2.2 970 1380 6 21 0.01 5 0.9 5.8 77 0.01
KL32-11 428.7 431.7 0.45 4500 0.34 4.1 3410 4840 3 18 1 6 3.3 5.3 73 0.01
KL32-11 431.7 434.7 0.92 9200 0.6 1.5 78 27 3 9 0.01 7 0.01 6.3 86 0.01
KL32-11 434.7 437.7 0.63 6300 0.32 1.2 70 18 1 40 0.01 9 0.01 4.0 72 0.01
KL32-11 437.7 440.7 0.364 3640 0.16 0.9 49 17 1 25 0.01 6 0.01 2.5 69 0.01
KL32-11 440.7 443.7 0.76 7600 0.41 1.6 78 19 1 64 0.01 10 0.01 2.0 72 0.01
KL32-11 443.7 446.7 0.336 3360 0.25 0.8 50 6 1 8 0.01 7 0.01 2.3 73 0.01



Appendix V - 235 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL32-11 446.7 449.7 0.62 6200 0.28 1.7 240 271 3 16 4 6 2 4.8 88 0.01
KL32-11 449.7 452.7 0.463 4630 0.28 1 81 16 4 48 0.01 7 0.4 4.0 102 0.01
KL32-11 452.7 455.7 0.473 4730 0.23 1.3 242 49 4 47 0.01 8 0.8 4.3 119 0.01
KL32-11 455.7 458.7 0.501 5010 0.32 1 88 7 1 12 0.01 8 0.01 1.3 88 0.01
KL32-11 458.7 461.7 0.75 7500 0.37 1.6 910 39 13 10 0.01 10 0.9 6.0 72 0.01
KL32-11 461.7 463.9 0.471 4710 0.32 1.4 500 150 13 15 0.01 10 1.8 5.0 71 0.01
KL32-11 463.9 467 0.74 7400 0.83 14.7 2030 1300 33 45 42 15 4 14.8 40 0.01
KL32-11 467 470.1 0.412 4120 0.3 3.2 640 295 7 43 6 9 1 6.0 56 0.01
KL32-11 470.1 473.2 0.52 5200 0.34 3 17500 59 55 4 0.01 60 7.6 26.7 34 0.01
KL32-11 473.2 475.3 0.76 7600 0.52 1.2 136 23 2 32 0.01 10 0.2 5.2 58 0.01
KL32-11 475.3 476.7 0.54 5400 0.41 1.7 680 138 9 17 2 10 1.6 7.7 59 0.01
KL34-01 0 6 0.0021 21 0.05 0.5 247 76 11 1 0.01 1 0.4 1.5 19 0.01
KL34-01 6 9 0.0011 11 0.04 0.5 206 71 11 2 0.01 1 0.6 1.7 19 0.01
KL34-01 9 12 0.0015 15 0.01 0.1 114 65 12 1 0.01 1 0.4 1.7 18 0.01
KL34-01 12 15 0.0032 32 0.02 0.1 211 80 10 3 0.01 1 0.7 1.0 17 0.01
KL34-01 15 18 0.0033 33 0.05 1.2 1400 256 14 3 0.01 1 1.3 1.5 19 0.1
KL34-01 18 21 0.0018 18 0.02 0.6 128 109 15 2 0.01 1 1 1.9 12 0.01
KL34-01 21 24 0.0016 16 0.01 0.1 84 58 12 1 0.01 1 0.4 1.8 13 0.01
KL34-01 24 27 0.001 10 0.01 0.7 169 100 20 2 0.01 1 0.4 1.8 17 0.01
KL34-01 27 30 0.0018 18 0.01 1.3 283 258 16 1 0.01 1 1.2 1.5 16 0.01
KL34-01 30 33 0.0043 43 0.01 0.5 162 62 14 3 0.01 1 0.9 1.4 19 0.01
KL34-01 33 36 0.0031 31 0.05 1.2 180 64 11 2 0.01 1 0.6 1.6 20 0.01
KL34-01 36 39 0.0014 14 0.1 0.5 144 105 13 2 0.01 1 0.3 0.7 21 0.01
KL34-01 39 42 0.0023 23 0.78 0.1 40 45 27 1 0.01 1 0.7 1.2 24 0.01
KL34-01 42 45 0.0009 9 0.17 0.1 57 36 15 2 0.01 1 0.3 1.2 23 0.01
KL34-01 45 48 0.0008 8 0.63 0.1 108 53 13 1 0.01 1 0.6 1.1 19 0.01
KL34-01 48 53 0.0016 16 0.2 0.6 333 182 11 1 0.01 1 0.6 2.6 17 0.01
KL34-01 53 56 0.0009 9 0.14 0.1 54 25 15 3 0.01 1 1 1.3 22 0.01
KL34-01 56 59 0.003 30 0.29 0.1 18 21 14 3 0.01 1 0.4 1.2 22 0.01
KL34-01 59 62 0.0012 12 0.29 0.1 29 26 17 2 0.01 1 0.5 1.3 21 0.01
KL34-01 62 65 0.0015 15 0.1 0.1 31 20 14 1 0.01 1 0.7 2.6 19 0.01
KL34-01 65 68 0.0116 116 0.12 4.8 292 218 46 3 0.01 1 4.2 3.7 14 0.01
KL34-01 68 71 0.0261 261 0.14 22.5 10400 7800 130 8 14 1 16 83.0 21 0.21
KL34-01 71 74 0.0053 53 0.89 3 870 265 96 3 0.01 1 12.5 8.4 28 0.19
KL34-01 74 77 0.0047 47 0.59 0.1 172 25 8 1 0.01 1 0.7 5.3 14 0.01
KL34-01 77 81 0.0027 27 0.62 0.1 139 42 11 1 0.01 1 1.3 6.3 18 0.01
KL34-01 81 84 0.0024 24 0.37 0.9 27 20 19 3 0.01 1 1.2 3.0 28 0.01
KL34-01 84 87 0.004 40 0.08 0.1 19 12 13 1 0.01 1 0.4 0.8 26 0.01
KL34-01 87 90 0.0013 13 0.04 0.1 20 13 14 1 0.01 1 0.2 1.4 25 0.01
KL34-01 90 93 0.0353 353 0.03 0.1 16 11 8 1 0.01 1 0.01 1.6 20 0.01
KL34-01 93 96 0.0029 29 0.01 0.1 23 12 9 1 0.01 1 0.01 1.4 25 0.01
KL34-01 96 99 0.0028 28 0.01 0.1 40 24 6 1 0.01 1 0.01 1.2 23 0.01
KL34-01 99 102 0.0024 24 0.01 0.1 34 25 10 1 0.01 1 0.4 1.8 20 0.01
KL34-01 102 105 0.0028 28 0.13 0.1 56 45 36 1 0.01 1 1 2.1 19 0.01
KL34-01 105 108 0.0039 39 0.05 1.6 440 305 50 31 9 2 3.1 4.8 28 0.01
KL34-01 108 111 0.004 40 0.03 1.5 268 351 42 3 2 2 2.8 2.7 42 0.01
KL34-01 111 114 0.0065 65 0.09 0.8 450 217 65 5 1 3 3 3.8 99 0.01
KL34-01 114 117 0.0093 93 0.02 3 129 261 25 3 7 3 1.7 7.5 135 0.01
KL34-01 117 124.3 0.097 970 0.4 38 11900 8600 260 46 150 1 58 18.0 69 0.97
KL34-01 124.3 127.5 0.25 2500 1.44 201 66200 70900 610 20 610 3 160 48.0 72 2.95
KL34-01 127.5 132 0.138 1380 0.83 45 30000 13800 460 38 100 14 156 43.0 74 0.98
KL34-01 132 136.5 0.0081 81 0.05 2.9 1110 560 29 12 7 3 4 3.2 221 0.1
KL34-01 136.5 142.5 0.0147 147 0.09 1.4 850 322 74 12 3 2 2.8 2.4 31 0.01
KL34-01 142.5 145.2 0.018 180 0.08 0.8 1700 210 120 15 3 3 5.8 2.1 131 0.01
KL34-01 145.2 147.5 0.0038 38 0.48 1.1 5200 1470 180 76 1 1 13 5.5 64 0.21
KL34-01 147.5 150.5 0.0101 101 0.46 0.9 5200 1400 180 351 3 1 10.1 4.5 50 0.19
KL34-01 150.5 153 0.0204 204 0.43 2.5 2250 500 260 90 11 2 9.3 6.0 113 0.11
KL34-01 153 155.5 0.0248 248 0.4 4.9 8100 1180 180 256 24 4 14 11.5 59 0.41
KL34-01 155.5 158 2.86 28600 0.78 49 17000 3000 5750 62 190 160 625 61.3 44 1.1
KL34-01 158 161 0.4 4000 0.2 9.5 34600 1040 770 530 40 30 60 43.8 40 0.18
KL34-01 161 164 0.0114 114 0.15 2.4 1400 620 40 21 4 1 8 8.8 20 0.1
KL34-01 164 166.4 0.0178 178 0.09 2.6 770 570 24 13 6 1 8.8 6.4 21 0.1
KL34-01 166.4 169 0.0133 133 0.3 2.6 1360 520 35 47 4 1 5.4 11.3 18 0.14



Appendix V - 236 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-01 169 172 0.0231 231 0.18 8.2 1970 1420 76 95 17 1 25 26.3 20 0.1
KL34-01 172 175 0.06 600 0.4 43 8600 7800 120 153 14 3 75 22.5 35 0.44
KL34-01 175 178 0.0054 54 0.07 4 880 670 18 48 9 1 6.9 6.5 24 0.01
KL34-01 178 181 0.0037 37 0.06 1.7 430 254 14 31 5 1 2.8 3.9 25 0.01
KL34-01 181 184 0.014 140 0.12 4.7 790 630 29 79 13 1 16.2 11.0 32 0.1
KL34-01 184 187 0.0407 407 0.2 8.3 4900 2100 100 114 17 1 13.4 15.5 28 0.13
KL34-01 187 190 0.047 470 0.28 12.3 5800 2700 110 116 27 7 13.4 23.3 31 0.16
KL34-01 190 193 0.0205 205 0.24 5.8 2200 2100 90 57 12 3 12 11.6 20 0.1
KL34-01 193 196 0.0163 163 0.21 6.2 1640 2400 53 57 12 1 9.6 13.9 16 0.01
KL34-01 196 199 0.0067 67 0.08 4.3 1140 1310 29 55 10 1 3.4 7.8 32 0.01
KL34-01 199 202 0.0072 72 0.05 3.7 1240 1000 22 40 6 1 4.5 6.0 13 0.01
KL34-01 202 205 0.0045 45 0.03 2.3 670 570 19 45 5 1 2.4 3.8 12 0.01
KL34-01 205 208 0.0063 63 0.07 2.9 780 510 21 35 5 1 3.2 5.3 20 0.01
KL34-01 208 211 0.0148 148 0.14 6.3 3600 2300 56 53 10 1 6.4 12.0 13 0.1
KL34-01 211 213.3 0.0268 268 0.15 6.6 4300 2800 89 88 12 1 6.8 17.6 12 0.1
KL34-01 213.3 217.4 3.62 36200 1.7 118 99000 69000 1690 578 267 17 350 84.0 172 0.25
KL34-01 217.4 223.8 1.16 11600 0.9 11.7 21300 650 1420 61 236 22 105 110.0 280 0.14
KL34-01 223.8 227 0.41 4100 0.58 55 54000 36400 1310 385 54 9 132 131.0 48 0.58
KL34-01 227 230 0.4 4000 2.3 30.9 25600 9000 700 470 62 23 51 70.5 53 0.66
KL34-01 230 233 0.051 510 0.94 4.3 2300 800 160 87 12 5 7.3 16.0 25 0.19
KL34-01 233 236 0.2 2000 0.97 35.3 12900 18600 150 270 35 9 32 57.0 50 0.19
KL34-01 236 239 0.28 2800 1.13 60 28700 38800 220 271 32 12 80 61.0 68 0.55
KL34-01 239 241 0.079 790 0.55 58 9800 10500 150 200 11 4 101 21.5 34 0.51
KL34-01 241 243 0.117 1170 0.47 48 5800 9000 170 89 13 8 66 20.3 22 0.28
KL34-01 243 246 0.25 2500 0.57 39.7 17200 10500 310 336 27 26 42 47.5 41 0.22
KL34-01 246 249.7 0.12 1200 0.21 16.9 9500 7100 200 520 35 9 18.5 37.0 28 0.12
KL34-01 249.7 253 0.0108 108 0.12 4.7 1530 1700 72 65 5 1 3.7 4.3 18 0.1
KL34-01 253 256 0.0031 31 0.1 1.4 235 313 19 16 4 1 1 2.3 19 0.01
KL34-01 256 259 0.024 240 0.4 6.5 3100 1560 65 60 7 1 16 9.9 31 0.17
KL34-01 259 262 0.0137 137 0.26 3.3 1200 590 56 36 7 1 9.5 4.1 24 0.01
KL34-01 262 265 0.012 120 0.17 1.5 590 243 54 48 3 1 6.4 3.6 30 0.01
KL34-01 265 268 0.0147 147 0.12 4.1 4700 3000 58 23 6 1 6.6 4.5 23 0.01
KL34-01 268 271 0.0067 67 0.05 1 820 580 29 23 2 1 2.4 2.2 17 0.01
KL34-01 271 274 0.0077 77 0.13 1.5 900 400 54 31 2 1 2.4 7.4 18 0.01
KL34-01 274 277 0.003 30 0.05 1.5 382 1420 14 42 0.01 1 2 32.5 16 0.01
KL34-01 277 280 0.0122 122 0.08 1.8 1320 720 32 32 3 1 3.2 12.1 16 0.01
KL34-01 280 283 0.0092 92 0.03 0.8 1030 400 13 15 1 1 0.8 7.6 12 0.01
KL34-01 283 286 0.0133 133 0.14 1.5 3780 1500 30 23 3 2 3.6 16.6 20 0.01
KL34-01 286 289 0.0022 22 0.04 0.5 260 301 7 9 1 1 1.1 3.2 17 0.01
KL34-01 289 292 0.0082 82 0.15 3.4 610 3400 30 35 3 1 8.3 15.5 19 0.01
KL34-01 292 295 0.009 90 0.17 4.4 760 4100 38 36 3 1 8.2 23.5 16 0.01
KL34-01 295 298 0.013 130 0.09 1.8 530 387 39 143 5 2 3 6.6 19 0.01
KL34-01 298 301 0.0026 26 0.21 0.9 347 414 13 15 2 1 1.4 4.3 17 0.01
KL34-01 301 304 0.003 30 0.07 0.5 229 147 13 11 1 1 0.9 2.1 19 0.01
KL34-01 304 307 0.0072 72 0.17 3.6 2200 2400 36 20 2 1 4.2 10.3 19 0.01
KL34-01 307 310 0.0084 84 0.16 4.9 2680 3100 49 21 2 1 6.6 14.3 17 0.01
KL34-01 310 313 0.0054 54 0.16 1.9 610 1170 25 23 2 1 5.4 10.0 16 0.01
KL34-01 313 316 0.0187 187 0.16 2.3 2350 910 52 24 5 3 4 10.1 17 0.01
KL34-01 316 319 0.024 240 0.19 4 3310 1530 66 26 7 2 6.8 11.3 18 0.01
KL34-01 319 322 0.0202 202 0.14 1.9 1000 440 65 82 3 4 7.6 3.5 27 0.01
KL34-01 322 325 0.056 560 0.12 5.6 4170 3100 160 165 9 4 22 8.1 19 0.01
KL34-01 325 328 0.047 470 0.16 3.3 4280 1350 64 163 9 6 6.1 9.1 19 0.01
KL34-01 328 331 0.22 2200 0.18 6.5 2250 1350 200 193 14 8 4.9 10.1 18 0.01
KL34-01 331 334 0.064 640 0.12 6.7 3250 840 33 420 32 6 2.6 42.0 23 0.01
KL34-01 334 337 0.096 960 0.09 10.8 10200 1370 30 280 37 7 2.2 48.0 34 0.01
KL34-01 337 340 0.0164 164 0.04 2.4 1760 381 23 84 8 3 1 19.8 30 0.01
KL34-01 340 343 0.057 570 0.1 2.9 1510 1560 73 42 12 4 12.8 27.0 17 0.01
KL34-01 343 346 0.093 930 0.16 7.1 1520 2400 140 60 18 4 28 16.5 17 0.01
KL34-01 346 349 0.117 1170 0.06 24.6 2570 2350 69 94 99 3 3.9 43.0 21 0.01
KL34-01 349 352 0.071 710 0.08 5.8 3070 1400 59 540 40 5 5.8 9.0 23 0.01
KL34-01 352 355 0.0219 219 0.11 1.3 750 362 43 24 5 4 4.4 5.0 23 0.01
KL34-01 355 358 0.08 800 0.1 4.6 1840 1700 79 54 11 3 17.5 14.5 18 0.01
KL34-01 358 361 0.0224 224 0.11 2.3 1480 420 58 16 13 4 2.2 10.6 20 0.01



Appendix V - 237 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-01 361 364 0.0275 275 0.09 2.2 1840 650 61 18 8 3 1.9 16.1 18 0.01
KL34-01 364 367 0.0249 249 0.15 1 1000 311 46 14 2 2 2.4 9.6 20 0.01
KL34-01 367 370 0.0241 241 0.06 1.1 1140 550 33 11 1 3 1.9 5.1 23 0.01
KL34-01 370 373 0.052 520 0.27 5.2 2380 1380 54 21 2 3 3.2 10.2 30 0.01
KL34-01 373 376 0.071 710 0.23 6.4 3160 1280 110 296 35 7 4.9 13.6 25 0.01
KL34-01 376 379 0.0288 288 0.16 1.2 1170 415 110 10 2 10 3.8 4.2 36 0.01
KL34-01 379 382 0.061 610 0.35 4.2 3740 2140 210 22 4 6 13.5 8.5 30 0.01
KL34-01 382 385 0.053 530 0.1 1.9 1060 391 50 118 9 6 3.6 14.5 31 0.01
KL34-01 385 388 0.0308 308 0.04 1.2 400 245 24 44 7 5 0.3 10.0 26 0.01
KL34-01 388 391 0.083 830 0.04 3.5 920 640 35 357 25 8 2.5 16.0 24 0.01
KL34-01 391 394 0.079 790 0.06 3.7 1270 1160 50 384 16 7 4.5 16.5 23 0.01
KL34-01 394 397 0.03 300 0.07 1.6 1130 376 45 264 8 4 1.9 10.0 22 0.01
KL34-01 397 400 0.0165 165 0.07 0.8 386 201 75 51 3 2 3.6 11.3 28 0.01
KL34-01 400 403 0.0161 161 0.2 1.2 430 245 92 49 3 1 8.5 16.5 32 0.01
KL34-01 403 406 0.076 760 0.15 13.2 1530 1450 61 56 56 2 8 37.0 20 0.01
KL34-01 406 409 0.0408 408 0.04 1 403 155 30 153 20 4 0.9 8.8 22 0.01
KL34-01 409 412 0.0139 139 0.03 0.1 291 71 28 10 0.01 2 0.7 1.6 19 0.01
KL34-01 412 415 0.081 810 0.82 15.3 1870 110 140 94 2 5 9.9 4.6 39 0.01
KL34-01 415 418 0.0077 77 0.18 18.4 185 54 78 6 0.01 3 10.1 2.5 22 0.01
KL34-01 418 421 0.0096 96 0.06 0.1 201 78 61 7 0.01 3 2 1.6 19 0.01
KL34-01 421 424 0.0047 47 0.03 5.2 620 314 45 1 0.01 1 3.3 2.3 14 0.01
KL34-01 424 427 0.0064 64 0.04 0.1 41 25 31 1 0.01 1 0.5 0.9 16 0.01
KL34-01 427 430 0.0032 32 0.04 0.1 86 34 47 3 0.01 1 0.8 1.0 14 0.01
KL34-01 430 433 0.0033 33 0.04 0.8 59 57 50 3 0.01 1 1.3 1.3 15 0.01
KL34-01 433 436 0.0091 91 0.05 12 960 630 51 1 0.01 1 8.1 5.9 18 0.01
KL34-01 436 439 0.0126 126 0.05 20.5 1780 1040 50 1 0.01 1 12.1 11.2 14 0.01
KL34-01 439 442 0.0025 25 0.05 0.1 41 24 72 3 0.01 1 1.8 1.2 14 0.01
KL34-01 442 445 0.0022 22 0.05 0.1 46 27 57 7 0.01 1 1.2 1.3 14 0.01
KL34-01 445 448 0.0025 25 0.03 0.1 30 30 43 6 0.01 1 0.8 1.2 14 0.01
KL34-01 448 451 0.0083 83 0.03 0.7 113 61 60 7 1 1 2.5 2.0 13 0.01
KL34-01 451 454 0.0097 97 0.04 0.5 100 54 63 9 1 1 3.3 2.1 15 0.01
KL34-01 454 457 0.0094 94 0.02 0.1 82 65 61 6 3 1 1.5 1.9 17 0.01
KL34-01 457 460 0.0066 66 0.03 0.1 69 47 75 9 1 1 2.6 1.9 16 0.01
KL34-01 460 463 0.0041 41 0.01 0.1 78 30 21 3 0.01 1 0.7 1.0 16 0.01
KL34-01 463 466 0.0097 97 0.02 0.1 267 130 43 4 3 1 0.6 1.1 16 0.01
KL34-01 466 469 0.0027 27 0.01 0.1 60 21 20 6 0.01 2 0.4 0.9 17 0.01
KL34-01 469 472 0.0366 366 0.07 3 570 480 41 12 14 1 3.4 12.1 19 0.01
KL34-01 472 475 0.0288 288 0.01 0.1 54 21 30 12 1 1 0.6 1.1 17 0.01
KL34-01 475 478 0.0036 36 0.01 0.1 56 20 12 5 0.01 1 0.4 0.9 16 0.01
KL34-01 478 481 0.004 40 0.01 0.1 41 21 19 7 0.01 1 0.4 0.8 17 0.01
KL34-01 481 484 0.0035 35 0.01 0.1 82 27 20 6 0.01 1 0.4 1.0 17 0.01
KL34-01 484 487 0.0047 47 0.02 0.1 32 15 27 80 0.01 1 0.4 1.1 16 0.01
KL34-01 487 490 0.0031 31 0.02 0.1 28 26 31 8 0.01 1 0.7 0.8 17 0.01
KL34-01 490 493 0.0045 45 0.01 0.1 36 20 26 5 0.01 2 0.6 0.8 15 0.01
KL34-01 493 496 0.0027 27 0.01 0.1 33 21 20 4 0.01 2 0.4 1.0 13 0.01
KL34-01 496 499 0.005 50 0.02 0.1 38 14 29 124 0.01 3 0.5 1.3 16 0.01
KL34-01 499 502 0.053 530 0.04 0.1 81 25 58 18 2 6 0.7 1.3 17 0.01
KL34-01 502 505 0.0153 153 0.07 0.1 100 18 94 15 2 3 1.5 1.5 25 0.01
KL34-01 505 508 0.0225 225 0.06 1.5 1200 1170 57 14 3 3 2 3.1 20 0.01
KL34-01 508 511 0.0207 207 0.06 2.1 1440 1130 61 6 5 4 2.6 5.1 19 0.01
KL34-01 511 514 0.0068 68 0.01 0.1 53 22 53 7 2 2 0.7 0.8 18 0.01
KL34-01 514 517 0.0198 198 0.04 0.1 160 23 58 24 6 6 0.9 2.2 22 0.01
KL34-01 517 520 0.0203 203 0.07 0.1 181 23 90 23 6 9 1 1.8 20 0.01
KL34-01 520 523 0.0201 201 0.43 0.8 132 34 270 18 3 7 17.3 3.8 50 0.01
KL34-01 523 526 0.0133 133 0.04 0.1 68 20 65 8 1 1 2.7 1.0 24 0.01
KL34-01 526 529 0.0408 408 0.15 0.6 840 31 130 29 3 3 4.7 2.1 37 0.01
KL34-01 529 532 0.0193 193 0.04 0.1 780 28 33 17 3 2 0.5 1.0 21 0.01
KL34-01 532 535 0.05 500 0.03 0.1 190 37 42 27 9 2 0.5 1.4 24 0.01
KL34-01 535 538 0.0142 142 0.01 0.1 50 34 18 13 2 3 0.2 0.8 25 0.01
KL34-01 538 541 0.0033 33 0.01 0.1 44 17 11 5 0.01 1 0.5 0.8 19 0.01
KL34-01 541 544 0.0032 32 0.01 0.1 520 18 19 11 0.01 1 0.8 0.8 17 0.01
KL34-01 544 547 0.0235 235 0.05 0.1 2190 68 110 11 1 2 4.1 2.1 23 0.01
KL34-01 547 550 0.013 130 0.06 0.1 297 30 70 14 2 1 1.6 1.8 19 0.01



Appendix V - 238 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-01 550 553 0.0241 241 0.06 0.1 2420 81 93 12 2 1 2.4 1.4 20 0.01
KL34-01 553 556 0.042 420 0.17 0.1 1510 52 110 56 7 4 1.4 2.2 35 0.01
KL34-01 556 559 0.0076 76 0.04 0.1 122 25 39 32 2 1 0.8 0.7 22 0.01
KL34-01 559 562 0.0108 108 0.13 0.1 132 26 55 40 5 2 1.4 1.7 28 0.01
KL34-01 562 565 0.0036 36 0.12 0.1 93 30 91 14 0.01 4 2.1 1.5 29 0.01
KL34-01 565 567.7 0.0113 113 0.11 0.1 108 40 90 14 0.01 2 3.3 2.2 26 0.01
KL34-02 0 6 0.041 410 0.02 0.9 247 148 35 5 4 1 5.1 2.0 49 0.01
KL34-02 6 9 0.0082 82 0.05 1.2 1000 338 27 6 0.01 1 2.9 2.0 66 0.01
KL34-02 9 13.1 0.008 80 0.04 1.2 850 304 19 3 0.01 1 2.4 1.8 42 0.01
KL34-02 13.1 15 0.0104 104 0.01 0.9 337 106 15 3 0.01 1 0.8 1.2 16 0.01
KL34-02 15 17.3 0.0176 176 0.08 1.6 640 176 26 2 0.01 1 0.9 1.0 23 0.01
KL34-02 17.3 20.3 0.0092 92 0.04 1.2 1880 460 28 4 0.01 1 1.4 1.3 22 0.01
KL34-02 20.3 23.3 0.012 120 0.1 3.2 3250 1510 34 4 0.01 1 3.2 2.0 26 0.1
KL34-02 23.3 26.3 0.0085 85 0.19 7 9000 3800 25 1 0.01 1 5.8 1.8 19 0.59
KL34-02 26.3 29.3 0.0114 114 0.23 9 15800 6000 26 2 0.01 1 5.1 1.8 20 0.26
KL34-02 29.3 32.3 0.0072 72 0.01 1 500 610 9 1 0.01 1 1.3 1.3 25 0.16
KL34-02 32.3 34.5 0.0259 259 0.03 5.7 2125 3750 38 4 2 1 4.8 17.1 39 0.22
KL34-02 34.5 36.8 0.022 220 0.03 17.5 6100 7200 57 4 26 2 12.5 20.4 26 0.13
KL34-02 36.8 38.5 0.76 7600 0.49 394 107000 84800 2400 12 460 34 200 337.0 174 3.4
KL34-02 38.5 41.4 0.0143 143 0.15 15 7500 7300 180 40 23 1 6.8 12.1 23 0.24
KL34-02 41.4 44.3 0.0121 121 0.01 0.1 167 93 18 1 0.01 1 1.2 1.5 48 0.01
KL34-02 44.3 47.3 0.0073 73 0.02 0.1 186 103 12 1 0.01 1 0.8 2.0 46 0.01
KL34-02 47.3 50.3 0.0085 85 0.01 0.1 102 66 11 3 1 1 1.1 2.0 30 0.01
KL34-02 50.3 53.3 0.088 880 0.01 0.1 148 92 10 7 0.01 1 1.8 1.8 40 0.01
KL34-02 53.3 56.3 0.0202 202 0.01 0.1 110 112 11 7 0.01 1 1 1.5 38 0.01
KL34-02 56.3 59.3 0.0125 125 0.03 1.4 540 213 17 3 3 1 1.3 2.8 29 0.01
KL34-02 59.3 62.3 0.0075 75 0.05 0.1 1230 362 32 3 0.01 1 2 1.8 48 0.01
KL34-02 62.3 65.3 0.051 510 0.03 0.1 710 161 17 1 2 1 2.3 1.5 60 0.01
KL34-02 65.3 68.3 0.0191 191 0.05 1 376 96 84 3 32 4 4.8 13.3 67 0.01
KL34-02 68.3 71.3 0.0038 38 0.02 0.6 152 102 22 2 4 3 0.9 11.8 61 0.01
KL34-02 71.3 74.3 0.8 8000 0.15 139 30100 8250 630 19 830 2 33 356.0 129 0.54
KL34-02 74.3 77.3 0.0149 149 0.09 4.8 2300 1180 88 13 19 1 4.5 8.0 314 0.18
KL34-02 77.3 80.3 0.053 530 0.06 3 1520 450 130 5 84 1 8.3 10.3 150 0.01
KL34-02 80.3 83.3 0.108 1080 0.16 17.8 3700 13000 250 9 60 5 21 27.2 157 0.55
KL34-02 83.3 86.3 0.067 670 0.04 9.4 1620 3210 100 5 36 1 11 6.3 317 0.14
KL34-02 86.3 89.3 0.0263 263 0.03 10.1 1820 3350 78 5 50 1 4.1 5.8 135 0.1
KL34-02 89.3 92.3 0.0155 155 0.08 3 3330 1290 50 10 10 1 4.4 3.8 233 0.3
KL34-02 92.3 94.1 0.0154 154 0.12 5 3810 1280 71 11 25 1 9.8 6.3 110 0.17
KL34-02 94.1 98.3 0.046 460 0.08 18 4400 2600 170 13 33 1 14.3 5.8 260 0.24
KL34-02 98.3 101.3 0.0048 48 0.13 1.5 1460 388 96 11 3 1 3 2.0 289 0.01
KL34-02 101.3 104.3 0.0054 54 0.14 2.5 1700 590 99 20 6 1 11 2.3 99 0.01
KL34-02 104.3 106 0.0042 42 0.17 2.9 1710 560 96 20 7 1 6.2 2.8 48 0.01
KL34-02 106 108.2 0.022 220 0.33 6.3 2320 5180 190 68 5 2 18 8.8 68 0.1
KL34-02 108.2 110.3 0.0057 57 0.04 1.8 950 720 14 10 4 1 3.8 3.8 24 0.01
KL34-02 110.3 113.3 0.0115 115 0.06 2.7 2700 1410 30 12 3 1 4.5 5.6 19 0.24
KL34-02 113.3 116.3 0.0092 92 0.07 0.7 800 364 17 12 2 1 2.9 2.0 21 0.01
KL34-02 116.3 119.3 0.003 30 0.05 0.8 371 254 9 4 2 1 0.6 2.0 18 0.01
KL34-02 119.3 121.8 0.0034 34 0.05 4.5 740 580 9 4 19 1 1.3 3.5 18 0.01
KL34-02 123.3 125.3 0.0038 38 0.07 2.2 287 290 12 7 7 1 1.2 4.0 21 0.01
KL34-02 123.3 125.3 0.071 710 0.2 44 18500 3700 66 15 334 2 16.8 26.2 24 0.12
KL34-02 125.3 128.3 0.0113 113 0.3 2.7 2020 530 48 25 9 1 5.7 4.8 35 0.01
KL34-02 128.3 131.3 0.094 940 0.35 5 1500 480 210 212 30 9 6.4 14.0 22 0.01
KL34-02 131.3 134.5 0.0084 84 0.21 2.7 1280 630 37 55 8 1 1.8 5.5 23 0.01
KL34-02 134.5 137.3 0.0073 73 0.06 3.4 1300 1360 26 21 6 1 2.3 4.5 26 0.01
KL34-02 137.3 140.2 0.0052 52 0.07 4.5 510 1700 19 46 12 1 2.4 6.5 26 0.01
KL34-02 140.2 142.7 0.0173 173 0.14 5.8 2820 1680 47 18 18 1 6.1 8.0 24 0.01
KL34-02 142.7 145.6 0.0071 71 0.12 7.7 800 1130 36 14 24 1 1.7 4.5 22 0.01
KL34-02 145.6 148.1 0.0028 28 0.07 2.2 300 440 13 18 5 1 0.9 2.8 13 0.01
KL34-02 148.1 150.9 0.0084 84 0.12 3.5 1700 1090 40 21 6 1 3.1 5.8 16 0.01
KL34-02 150.9 155.3 0.0206 206 0.25 8 2800 2300 98 138 25 2 8 8.5 40 0.01
KL34-02 155.3 158.6 0.0036 36 0.05 1.5 600 650 16 22 3 1 1.3 2.0 13 0.01
KL34-02 158.6 164.3 0.0041 41 0.07 1.7 1000 1230 24 15 1 1 3.4 2.8 13 0.01
KL34-02 164.3 167.3 0.0047 47 0.07 1.7 1870 1210 30 18 1 1 3.8 3.0 12 0.01



Appendix V - 239 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-02 167.3 170.3 0.031 310 0.27 12.8 8200 7500 120 75 28 1 18 25.4 19 0.01
KL34-02 170.3 173.3 0.0066 66 0.08 3.5 1450 610 46 171 6 1 3.2 4.0 19 0.01
KL34-02 173.3 175.7 0.01 100 0.11 5.7 4400 3900 41 91 6 1 5.9 10.8 18 0.01
KL34-02 175.7 177.5 0.041 410 0.21 13.4 9800 6300 97 103 34 1 8.5 32.3 14 0.01
KL34-02 177.5 180.6 0.0222 222 0.08 3.1 2090 700 38 37 12 6 2.6 6.6 19 0.01
KL34-02 180.6 183.5 0.0378 378 0.25 12.9 9200 7300 110 36 23 3 12.9 14.8 17 0.14
KL34-02 183.5 186.4 0.11 1100 0.93 10.3 9200 3300 440 93 26 18 19 10.5 29 0.64
KL34-02 186.4 188.3 0.09 900 1.13 10.8 12600 2300 250 171 34 8 11 10.3 40 1.16
KL34-02 188.3 191.3 0.24 2400 0.38 20.3 24000 3500 140 440 73 5 6.6 15.8 17 1.24
KL34-02 191.3 193.2 0.103 1030 0.53 17.6 7500 3900 140 211 58 7 6 20.8 42 1.42
KL34-02 193.2 194.8 0.071 710 0.44 10.2 5900 3200 130 55 21 4 3.5 14.3 25 1.04
KL34-02 194.8 197.3 0.77 7700 1.36 38 560 9400 990 105 78 11 34 20.3 245 1.2
KL34-02 197.3 202.1 0.65 6500 1.56 17.7 690 450 1190 88 94 87 21 19.5 203 0.34
KL34-02 202.1 204.6 1.17 11700 2.43 20.8 210 141 210 90 30 55 10.5 94.0 295 0.48
KL34-02 204.6 207.4 1.83 18300 1.36 18.3 217 135 220 316 15 56 4.4 40.5 280 0.41
KL34-02 207.4 210.3 0.58 5800 0.83 7.3 387 146 120 1280 12 24 2.5 12.8 394 0.47
KL34-02 210.3 212.3 0.53 5300 0.72 6.8 205 102 110 750 27 23 2.2 21.8 176 0.21
KL34-02 212.3 215.3 0.496 4960 1.23 7.5 660 344 100 400 127 21 2.9 46.5 308 0.37
KL34-02 215.3 218.3 1.25 12500 1.75 14.1 770 227 170 147 46 24 5.8 35.0 129 0.5
KL34-02 218.3 221.3 0.91 9100 1.44 10.7 1700 410 80 417 11 22 5.2 19.5 171 0.3
KL34-02 221.3 224.3 0.66 6600 0.92 6.3 228 89 74 95 8 46 4.1 55.0 141 0.01
KL34-02 224.3 227.3 1 10000 1.38 9 98 37 36 100 5 38 3 19.0 48 0.01
KL34-02 227.3 230.3 0.89 8900 1 8.6 314 96 66 38 7 36 4.4 20.8 50 0.01
KL34-02 230.3 233.3 0.78 7800 0.51 6.1 203 125 45 123 8 26 7.5 15.0 38 0.01
KL34-02 233.3 236.3 0.68 6800 0.45 4.9 300 169 58 38 4 43 8 9.8 71 0.01
KL34-02 236.3 239.3 2.35 23500 2.04 16.8 1790 163 120 187 11 170 8.5 36.0 60 0.01
KL34-02 239.3 242.3 1.47 14700 1.57 6.8 580 187 100 310 6 72 7 38.5 246 0.24
KL34-02 242.3 245.3 0.73 7300 1.32 3.8 1250 170 86 265 5 57 3.8 42.0 150 0.25
KL34-02 245.3 249.9 0.78 7800 0.89 21.5 750 480 120 245 7 45 4.8 15.5 150 0.34
KL34-02 249.9 251.3 0.8 8000 0.96 4.7 330 91 150 100 11 73 6.8 20.8 82 0.2
KL34-02 251.3 254.3 3.11 31100 2.19 11 2200 235 140 142 5 173 2.8 28.0 251 0.61
KL34-02 254.3 257.3 1.84 18400 2.6 6.3 1200 146 83 37 4 45 1.9 20.5 86 1.31
KL34-02 257.3 260.3 1.45 14500 2.25 7 650 120 24 123 7 78 1.2 25.5 187 0.6
KL34-02 260.3 263.3 1.55 15500 2.04 6 286 47 15 328 5 74 1 19.5 171 0.67
KL34-02 263.3 266.3 2.21 22100 1.65 7.6 530 37 14 233 4 76 1.1 29.0 50 2.09
KL34-02 266.3 269.3 2.02 20200 1.76 7.5 850 24 3 50 3 49 0.6 6.8 53 0.01
KL34-02 269.3 271.4 1.73 17300 1.84 5.2 1100 57 10 90 5 82 1.6 16.0 79 0.34
KL34-02 271.4 274.5 2.52 25200 2.15 7.7 1110 106 4 85 4 87 1.3 24.0 60 0.01
KL34-02 274.5 277.6 3.02 30200 2.04 8 510 20 4 104 2 70 0.8 22.0 70 0.01
KL34-02 277.6 279.2 1.34 13400 0.92 4.8 276 21 11 84 4 21 1.5 12.0 65 0.01
KL34-02 279.2 280.8 2.65 26500 1.87 5.9 820 56 6 410 3 71 1.5 26.0 65 0.01
KL34-02 280.8 283.9 2.32 23200 2.09 6.5 700 57 28 263 3 85 1.5 35.0 124 0.01
KL34-02 283.9 287.1 2.43 24300 2.26 7.1 630 96 120 120 6 150 2.8 21.0 61 0.58
KL34-02 287.1 290.3 2.69 26900 2.11 6.1 2250 182 280 184 12 66 4.5 51.0 121 2.34
KL34-02 290.3 293.3 2.88 28800 3.06 13.2 2750 306 140 187 5 30 8.8 28.0 216 3.5
KL34-02 293.3 296.3 2.58 25800 2.67 9 550 48 47 24 4 53 3.6 28.0 153 0.36
KL34-02 296.3 299.3 2.52 25200 1.65 8.3 327 32 80 291 5 58 1.8 41.5 136 0.6
KL34-02 299.3 302.3 2.71 27100 2.73 12.3 430 35 50 196 32 50 1.4 31.0 104 0.01
KL34-02 302.3 305.3 3.45 34500 4.87 14.7 800 76 42 155 4 76 2.1 30.0 51 0.38
KL34-02 305.3 308.1 2.57 25700 4.26 8.2 19900 196 45 110 4 15 2.1 30.0 135 0.6
KL34-02 308.1 311.1 5.46 54600 3.76 14.1 1480 124 140 610 3 113 5.1 40.7 52 0.96
KL34-02 311.1 314.2 5.24 52400 2.98 8.2 1110 910 54 292 1 84 7.7 24.7 71 0.98
KL34-02 314.2 317.2 2.12 21200 1.34 4.5 870 480 21 15 3 63 3.8 13.3 56 0.36
KL34-02 317.2 320.2 2.9 29000 2.05 4.5 750 113 21 115 1 68 2.4 18.0 82 0.01
KL34-02 320.2 323.2 2.45 24500 1.89 6.4 211 80 120 467 3 70 5.2 19.0 325 0.01
KL34-02 323.2 326.3 2.81 28100 1.97 6.8 2110 430 120 134 8 60 2.6 23.0 143 0.01
KL34-02 326.3 329.3 4.23 42300 3.78 9.3 1480 242 56 56 26 58 3.7 21.0 144 0.01
KL34-02 329.3 332.3 3.18 31800 2.8 5.8 1200 203 52 50 3 75 8.3 19.0 66 0.01
KL34-02 332.3 335.3 3.21 32100 2.69 5.4 930 102 57 219 1 78 6.8 15.0 116 0.01
KL34-02 335.3 338.3 3.51 35100 3 5.7 560 158 190 94 1 71 10.8 20.0 175 0.01
KL34-02 338.3 340.4 2.38 23800 2.51 4.3 560 288 290 156 2 81 10.8 23.0 179 0.01
KL34-02 340.4 342 2.3 23000 1.96 7 780 84 110 197 6 67 2.9 37.5 133 0.01
KL34-02 342 344.3 1.78 17800 2.78 4.6 780 420 140 122 2 57 6.8 15.0 128 0.01



Appendix V - 240 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-02 344.3 347.3 2 20000 2.1 5.2 1210 600 86 940 6 53 6 14.0 129 0.01
KL34-02 347.3 350.3 1.93 19300 1.43 5.3 720 2700 87 650 4 44 6.9 12.0 150 0.01
KL34-02 350.3 353.3 1.94 19400 1.48 4.7 560 430 100 365 7 54 3.1 17.3 158 0.01
KL34-02 353.3 354.2 3.32 33200 2.18 5.8 730 86 39 52 2 68 3.1 15.0 110 0.01
KL34-02 354.2 356.3 2.08 20800 1.72 5.2 400 216 220 88 3 57 8.8 8.5 134 0.01
KL34-02 356.3 359.3 2.2 22000 2.06 4.5 700 289 290 34 2 64 9.8 10.2 175 0.01
KL34-02 359.3 362.3 1.75 17500 2.43 5 5050 1210 240 25 3 26 3.2 9.5 186 0.01
KL34-02 362.3 365.3 1.81 18100 2.3 2.8 770 304 200 51 3 23 11.9 10.7 139 0.01
KL34-02 365.3 368.3 3.14 31400 3.32 6 860 319 300 97 2 50 11.4 12.0 223 0.01
KL34-02 368.3 371.3 2.43 24300 2.91 4.3 1620 540 280 51 2 54 18 10.0 206 0.01
KL34-02 371.3 374.3 1.81 18100 2.71 3.1 780 328 260 48 0.01 25 14.1 8.0 211 0.01
KL34-02 374.3 377.3 2.04 20400 2.56 4.6 1770 330 360 16 0.01 26 14.5 8.0 163 0.44
KL34-02 377.3 380.3 2 20000 3.68 6.6 3450 620 530 57 4 82 19.6 12.0 207 0.8
KL34-02 380.3 383.3 1.86 18600 1.87 4.7 780 182 180 40 15 29 9.5 16.0 223 0.32
KL34-02 383.3 386.3 1.48 14800 1.66 3.8 700 1180 340 198 2 118 15.5 13.0 204 0.01
KL34-02 386.3 389.3 1.85 18500 1.56 3.1 560 294 480 700 0.01 51 15.3 5.5 126 0.01
KL34-02 389.3 392.3 1.58 15800 1.46 1.8 5700 203 320 257 1 71 20.5 9.0 18 0.01
KL34-02 392.3 394 1.99 19900 2 3.3 2050 299 390 105 2 193 14.8 7.5 140 0.01
KL34-02 394 396.1 3.22 32200 3.06 5 1110 920 360 1100 2 85 18.5 15.0 163 0.01
KL34-02 396.1 398.3 3.48 34800 3.82 13.5 2500 213 180 25 53 110 8.2 24.0 233 0.01
KL34-02 398.3 401.3 1.62 16200 2.36 11.3 276 79 150 64 12 37 3.9 19.0 245 0.1
KL34-02 401.3 404.3 3.02 30200 1.86 19.5 390 114 120 130 4 38 6.1 36.0 212 0.01
KL34-02 404.3 406.6 0.75 7500 0.73 15.2 1930 53 90 356 32 16 1.8 20.1 120 0.01
KL34-02 406.6 408.7 0.367 3670 0.37 5.7 246 72 150 197 18 13 1.8 9.3 142 0.01
KL34-02 408.7 410.3 0.42 4200 0.4 6.5 470 170 130 182 19 17 2.2 9.5 229 0.01
KL34-02 410.3 413.3 0.28 2800 0.14 1.8 420 116 120 264 3 12 3 6.8 254 0.01
KL34-02 413.3 416.3 0.25 2500 0.09 0.7 334 129 82 152 2 7 1.2 4.1 338 0.01
KL34-02 416.3 419.3 0.23 2300 0.11 1 346 73 90 265 2 9 1.1 4.0 232 0.1
KL34-02 419.3 422.3 0.21 2100 0.11 1.3 880 245 82 104 3 9 1.1 7.0 339 0.1
KL34-02 422.3 425.3 0.52 5200 0.23 2.1 620 127 130 41 11 16 1.7 11.8 265 0.15
KL34-02 425.3 428.3 0.85 8500 0.49 17.5 1610 295 130 161 66 16 1.8 15.7 227 0.1
KL34-02 428.3 431.4 0.55 5500 0.67 9.5 3800 480 140 62 21 13 2.5 7.8 396 0.38
KL34-02 431.4 434.5 0.89 8900 0.71 17.1 1750 265 70 100 29 17 2.5 8.5 445 0.18
KL34-02 434.5 437.5 1.39 13900 1.96 35.7 19900 910 89 96 23 19 1.6 15.5 318 0.18
KL34-02 437.5 440.3 1.7 17000 3.1 17.7 5600 3010 190 104 5 18 4.6 13.0 262 0.17
KL34-02 440.3 443.3 3.08 30800 2.88 8.8 1520 276 120 316 5 114 6.2 34.5 257 0.16
KL34-02 443.3 446.3 4.67 46700 3.02 10.5 1400 560 180 28 2 140 15.8 20.0 205 0.21
KL34-02 446.3 448.1 5.43 54300 3.92 10.8 2170 510 120 22 1 175 16.1 21.5 212 0.23
KL34-02 448.1 449.8 4.29 42900 3.5 11.3 2500 236 140 94 3 128 9 24.7 259 0.28
KL34-02 449.8 452.5 3.08 30800 2.42 11.1 2400 460 150 91 2 70 10.3 21.0 257 0.2
KL34-02 452.5 455.5 2.11 21100 1.48 6 1500 170 110 62 8 71 6.5 37.0 325 0.1
KL34-02 455.5 458.3 1.2 12000 1.39 4.5 920 83 44 58 6 81 2.4 66.0 301 0.01
KL34-02 458.3 460.9 1.38 13800 2.18 7.2 1910 167 70 32 8 56 1.4 73.0 331 0.01
KL34-02 460.9 463.9 2.27 22700 2.96 9.2 2600 178 54 27 38 19 1 60.0 313 0.26
KL34-02 463.9 467 1.69 16900 3.03 9.1 930 93 51 80 41 50 2.2 46.0 304 0.01
KL34-02 467 470 2.12 21200 3.21 12.3 2070 610 140 101 58 15 2.3 32.0 326 0.01
KL34-02 470 473 3.62 36200 2.82 10.9 700 73 170 142 5 26 3.6 36.0 290 0.36
KL34-02 473 476.1 3.12 31200 2.13 8.3 480 80 140 85 8 47 2 48.0 247 0.28
KL34-02 476.1 477.8 1.87 18700 1.36 8.7 7900 650 130 108 14 57 4.1 74.0 357 0.32
KL34-02 477.8 480.8 1.81 18100 3.16 7.7 1100 235 67 32 6 54 2.3 52.0 350 0.26
KL34-02 480.8 482.7 3.35 33500 3.34 12.6 930 129 140 97 8 50 2.8 35.0 304 0.01
KL34-02 482.7 485.8 2.37 23700 2.67 9.7 700 134 280 92 10 50 3 33.0 338 0.01
KL34-02 485.8 487 3.8 38000 3.19 16.2 2600 500 68 180 9 64 1.5 39.0 124 0.28
KL34-02 487 488.3 2.73 27300 1.9 11.2 2300 240 92 315 7 45 2.2 27.0 278 0.24
KL34-02 488.3 491.3 2.97 29700 1.53 10.9 1570 122 58 484 6 50 1.6 39.0 118 0.01
KL34-02 491.3 494.3 2.42 24200 1.76 9.6 1860 237 47 132 5 31 1.1 40.0 141 0.01
KL34-02 494.3 497.3 2.43 24300 1.42 8.5 2900 590 32 165 5 24 0.5 36.0 152 0.01
KL34-02 497.3 500.3 1.06 10600 0.98 5.8 327 358 7 15 5 15 0.5 11.7 35 0.01
KL34-02 500.3 503.3 2.05 20500 1.42 9.9 7500 1300 13 185 2 7 1.3 14.5 136 0.01
KL34-02 503.3 505.5 1.8 18000 1.19 9.8 7200 1160 19 247 3 12 1.6 12.0 126 0.01
KL34-02 505.5 508.6 3.35 33500 2.52 19.6 12900 3500 37 490 5 53 3.3 24.0 66 0.01
KL34-02 508.6 511.7 3.54 35400 2.56 34.2 29400 7100 44 1080 22 22 0.9 31.0 48 0.01
KL34-02 511.7 513.7 2.25 22500 1.68 28.2 34000 8800 73 56 48 26 2 25.0 50 0.01



Appendix V - 241 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-02 513.7 515.3 2.27 22700 2.52 33.7 64500 8100 90 1060 29 16 1.1 52.5 48 0.01
KL34-02 515.3 518.3 1.67 16700 3.27 65 44700 38400 110 105 165 20 1.4 19.5 60 0.24
KL34-02 518.3 521.3 2.75 27500 3.23 46 66800 13900 210 128 73 25 2.6 26.0 76 0.2
KL34-02 521.3 524.3 2.41 24100 1.35 46 19000 40800 61 182 42 40 17.7 14.0 84 0.01
KL34-02 524.3 527.3 1.71 17100 1.77 27.9 26800 15100 64 45 56 53 5.8 31.0 75 0.01
KL34-02 527.3 529.5 2.32 23200 1.08 11.7 22300 2700 104 28 31 63 14.7 15.0 68 0.01
KL34-02 529.5 532.2 1.02 10200 1.21 9.4 33100 3300 190 24 13 15 3.4 17.9 57 0.01
KL34-02 532.2 535.6 1.98 19800 1.31 24.8 28900 4800 25 83 84 7 0.9 13.7 41 0.01
KL34-02 535.6 537.1 0.39 3900 1.43 10.7 82000 19600 52 6 27 8 1.3 27.0 34 0.01
KL34-02 537.1 539.3 0.78 7800 1.33 13.6 18100 2900 74 11 12 18 2.8 22.4 38 0.01
KL34-02 539.3 542.3 0.95 9500 1.33 25.6 6500 2900 92 12 82 28 1 22.7 29 0.01
KL34-02 542.3 545.3 0.74 7400 0.9 25.9 8400 4400 74 16 96 20 0.8 37.2 35 0.01
KL34-02 545.3 547.7 2.29 22900 1.75 24.5 5700 2600 180 13 43 53 1.8 10.0 30 0.01
KL34-02 547.7 549.9 2.31 23100 1.62 18.3 800 720 50 126 45 68 6.2 27.5 62 0.01
KL34-02 549.9 551.3 1.3 13000 1.36 12.9 401 188 55 19 36 37 1.9 19.9 49 0.01
KL34-02 551.3 554.3 3.25 32500 1.79 22.7 1100 153 35 32 22 31 1.3 34.0 42 0.01
KL34-02 554.3 557.3 1.78 17800 1.33 21 1710 103 59 170 49 20 0.9 28.2 54 0.01
KL34-02 557.3 560.3 1.68 16800 1 18.6 3200 387 54 1410 32 15 1 31.3 44 0.01
KL34-02 560.3 563.3 1.54 15400 1.27 24.7 6200 201 42 32 136 12 0.8 22.2 38 0.01
KL34-02 563.3 566.3 1.48 14800 1.32 21.7 3300 50 36 20 52 8 0.3 40.5 41 0.01
KL34-02 566.3 569.3 1.75 17500 1.53 21.8 11400 680 73 63 36 13 1.7 28.0 43 0.13
KL34-02 569.3 572.3 0.88 8800 0.99 7.1 17000 670 50 19 26 8 0.4 29.5 62 0.01
KL34-02 572.3 575.3 0.69 6900 0.66 3.8 14100 630 33 40 21 14 0.6 34.7 47 0.01
KL34-02 575.3 578.3 1.2 12000 0.95 4.4 8400 980 22 83 2 28 0.5 14.0 41 0.01
KL34-02 578.3 581.3 1 10000 0.83 3.4 19400 1470 58 54 14 19 0.3 13.3 34 0.01
KL34-02 581.3 584.3 0.85 8500 0.56 2.4 25200 1570 68 24 3 11 0.2 12.0 43 0.01
KL34-02 584.3 587.3 1.18 11800 0.81 3.3 21500 850 120 16 2 18 0.7 11.8 32 0.01
KL34-02 587.3 590.3 0.74 7400 0.58 2.6 13900 1570 42 30 2 15 0.6 14.5 33 0.01
KL34-02 590.3 593.3 0.83 8300 0.5 2.8 3700 321 23 89 7 22 0.2 24.4 63 0.01
KL34-02 593.3 596.3 0.61 6100 0.5 1.6 3900 230 13 28 0.01 17 0.01 9.5 52 0.01
KL34-02 596.3 598.8 1.01 10100 0.96 3 3800 180 22 12 2 28 0.2 16.3 54 0.01
KL34-02 598.8 600.6 0.57 5700 0.4 2.1 440 37 26 17 5 17 0.5 10.8 50 0.01
KL34-02 600.6 602.3 0.43 4300 0.37 1.3 408 62 9 6 1 15 0.01 10.0 46 0.01
KL34-02 602.3 605.3 0.82 8200 0.57 2 107 20 8 3 0.01 18 0.2 9.5 22 0.01
KL34-02 605.3 608.3 1.37 13700 1.29 3.3 104 30 20 22 2 20 0.4 17.3 30 0.01
KL34-02 608.3 611.3 0.92 9200 0.67 3.1 108 16 12 31 0.01 18 0.3 7.5 17 0.01
KL34-02 611.3 614.3 0.78 7800 0.75 4.2 1860 1100 59 70 3 16 2.6 34.2 44 0.25
KL34-02 614.3 617.3 0.73 7300 0.63 2.6 180 50 21 81 2 32 0.5 23.7 23 0.01
KL34-02 617.3 620.3 0.82 8200 0.48 3 720 101 11 184 1 13 0.2 11.4 26 0.01
KL34-02 620.3 623.3 0.6 6000 0.47 1.7 279 30 6 17 2 10 0.3 7.3 30 0.01
KL34-02 623.3 626.3 0.74 7400 0.35 2.4 105 15 3 141 0.01 13 0.2 9.8 24 0.01
KL34-02 626.3 629.3 1.41 14100 1.12 5.3 362 61 19 45 1 19 1.3 13.0 36 0.01
KL34-02 629.3 632.3 0.83 8300 0.91 3 286 20 9 72 3 11 6.2 11.5 29 0.01
KL34-02 632.3 635.3 2 20000 1.55 8.4 5000 1180 38 215 3 12 0.7 8.8 128 0.01
KL34-02 635.3 638.3 1.25 12500 1.51 4.7 202 32 5 4 3 15 0.2 4.8 51 0.01
KL34-02 638.3 639.1 0.37 3700 0.37 1.8 76 13 6 21 0.01 17 0.01 5.3 35 0.01
KL34-02 639.1 641.8 0.074 740 0.05 0.1 65 12 0.01 2 1 11 0.01 2.0 21 0.01
KL34-02 641.8 644 0.81 8100 0.38 3.1 240 22 6 53 3 25 0.01 8.8 44 0.01
KL34-02 644 646.6 0.62 6200 0.61 2.4 1410 30 32 15 16 14 0.6 34.5 43 0.01
KL34-02 646.6 649.6 0.27 2700 0.59 2.1 124 28 26 18 93 9 3.6 12.8 37 0.01
KL34-02 649.6 652.6 0.83 8300 1.07 4.6 102 13 21 17 9 18 0.5 12.0 94 0.01
KL34-02 652.6 655.3 0.84 8400 0.66 3.2 103 10 10 35 1 12 0.01 14.5 33 0.01
KL34-02 655.3 657.2 0.7 7000 0.42 2.6 79 33 7 52 1 16 0.01 32.5 100 0.01
KL34-02 657.2 659 0.5 5000 0.09 1.1 45 13 0.01 25 0.01 21 0.01 33.1 92 0.01
KL34-02 659 662 0.32 3200 0.07 1.3 53 12 2 114 1 21 0.2 24.8 110 0.01
KL34-02 662 665 0.23 2300 0.13 0.6 53 11 0.01 12 0.01 15 0.6 3.3 45 0.01
KL34-02 665 668 1.08 10800 0.57 3.3 104 15 0.01 39 0.01 28 0.01 9.0 53 0.01
KL34-02 668 671 0.186 1860 0.09 0.6 80 19 0.01 17 1 19 0.01 6.4 24 0.01
KL34-02 671 674 0.36 3600 0.2 1.2 184 116 3 19 0.01 20 0.01 5.0 25 0.01
KL34-02 674 676.5 0.35 3500 0.18 1.7 480 390 0.01 18 2 22 0.2 13.0 22 0.01
KL34-02 676.5 678.7 0.21 2100 0.23 0.7 67 13 4 26 0.01 32 0.01 7.5 52 0.01
KL34-02 678.7 681.7 0.46 4600 0.64 1.9 106 17 2 9 1 19 2.5 5.0 53 0.01
KL34-02 681.7 684.6 0.98 9800 0.89 3 105 18 6 10 1 20 0.01 10.0 61 0.01



Appendix V - 242 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-02 684.6 687.6 0.8 8000 0.76 2.8 104 13 0.01 18 1 16 0.01 7.8 44 0.01
KL34-02 687.6 690.6 0.58 5800 0.87 2.7 95 12 0.01 7 1 13 0.01 5.5 70 0.01
KL34-02 690.6 693.6 0.29 2900 0.2 1 63 26 1 35 0.01 11 0.01 8.3 32 0.01
KL34-02 693.6 696.6 0.45 4500 0.27 1.8 67 20 3 232 1 11 0.01 6.0 44 0.01
KL34-02 696.6 699.7 0.38 3800 0.41 1.9 145 50 36 50 1 11 0.2 9.5 81 0.15
KL34-02 699.7 701 0.126 1260 0.15 0.7 156 60 23 375 1 9 0.01 8.8 74 0.16
KL34-02 701 704 0.22 2200 0.38 1.1 180 31 56 102 2 9 0.2 8.8 126 0.01
KL34-02 704 707 0.32 3200 0.44 2.2 136 67 57 42 2 14 0.8 13.8 86 0.01
KL34-02 707 710 0.38 3800 0.81 3 840 670 140 67 3 21 2.8 34.7 255 0.2
KL34-02 710 713 0.26 2600 0.4 2.2 1420 870 40 114 2 12 2 23.9 178 0.18
KL34-02 713 716 0.34 3400 0.28 1.8 68 16 12 39 0.01 8 0.01 4.3 85 0.01
KL34-02 716 719 0.73 7300 0.66 3.3 102 6 9 21 0.01 5 0.2 7.1 62 0.01
KL34-02 719 722 0.32 3200 0.29 2.6 318 170 42 13 1 6 1.3 5.8 55 0.01
KL34-02 722 725 0.4 4000 0.37 2.3 74 22 24 11 0.01 6 0.01 4.3 34 0.01
KL34-02 725 728 0.33 3300 0.37 2 180 18 13 79 2 7 0.01 6.3 32 0.01
KL34-02 728 731 0.201 2010 0.03 1.3 66 14 5 34 1 5 0.2 4.8 38 0.01
KL34-02 731 733.7 0.126 1260 0.1 1.2 136 50 32 30 0.01 5 0.4 3.8 33 0.01
KL34-03 0 4.2 0.009 90 0.04 0.9 1200 390 15 4 0.01 1 2.7 2.0 52 0.01
KL34-03 4.2 6 0.0024 24 0.03 0.7 391 189 7 2 0.01 1 1.7 0.5 29 0.01
KL34-03 6 9 0.0071 71 0.06 2.3 2400 374 13 3 0.01 1 2 0.5 26 0.28
KL34-03 9 12 0.0043 43 0.02 1.2 171 54 12 1 0.01 1 1.1 2.9 19 0.01
KL34-03 12 15 0.0307 307 0.03 1.2 680 150 15 1 0.01 1 1.3 3.5 28 0.01
KL34-03 15 18 0.0053 53 0.04 0.6 257 122 11 2 0.01 1 1 0.5 21 0.01
KL34-03 18 21 0.0018 18 0.03 0.9 171 120 19 1 0.01 1 1 1.0 20 0.01
KL34-03 21 23 0.0013 13 0.02 1.3 500 178 11 1 0.01 1 1.2 1.5 46 0.01
KL34-03 23 26.1 0.42 4200 0.2 15.3 7000 410 72 152 89 23 2 2.5 74 0.01
KL34-03 26.1 29.2 0.0031 31 0.01 1 800 490 15 1 1 2 1.8 0.8 23 0.01
KL34-03 29.2 32 0.016 160 0.13 3.7 1840 2390 35 3 1 1 6.7 3.9 21 0.12
KL34-03 32 34 0.0088 88 0.09 0.5 283 105 4 1 0.01 1 0.8 2.1 16 0.01
KL34-03 34 36 0.0053 53 0.06 0.5 328 181 12 1 0.01 1 1.9 0.5 19 0.01
KL34-03 36 39 0.0021 21 0.12 0.6 460 244 8 1 0.01 1 1.4 1.8 16 0.01
KL34-03 39 40.5 0.0056 56 0.08 1.1 790 950 13 1 0.01 1 1.9 4.4 17 0.01
KL34-03 40.5 42 0.493 4930 0.2 160 42600 180000 1550 16 116 4 103 123.0 47 1.15
KL34-03 42 45 0.0224 224 0.24 1.2 427 1120 15 2 0.01 1 2.8 3.3 18 0.01
KL34-03 45 48 0.0101 101 0.12 1.2 890 440 28 3 0.01 1 4.4 2.0 24 0.16
KL34-03 48 51 0.0027 27 0.06 0.1 180 54 20 1 0.01 1 0.8 1.5 25 0.01
KL34-03 51 54 0.0062 62 0.01 0.1 77 36 0.01 1 0.01 1 0.6 1.1 29 0.01
KL34-03 54 57 0.0074 74 0.01 0.1 53 32 7 1 0.01 1 0.5 1.3 42 0.01
KL34-03 57 60 0.006 60 0.01 0.1 54 31 4 2 0.01 1 0.2 2.0 35 0.01
KL34-03 60 63 0.0087 87 0.03 3.5 226 530 13 1 12 1 0.9 9.3 38 0.01
KL34-03 63 66 0.0073 73 0.03 4.5 730 540 59 3 21 3 1.5 18.0 125 0.01
KL34-03 66 69 0.0367 367 0.02 4.5 202 290 130 2 44 6 3.1 84.0 215 0.01
KL34-03 69 71.2 0.142 1420 0.04 12.9 2430 2180 490 6 39 5 17 49.5 237 0.14
KL34-03 71.2 74.3 0.0092 92 0.01 4.9 300 1380 19 5 15 1 3.2 32.5 33 0.01
KL34-03 74.3 77.4 0.011 110 0.01 14.7 430 1240 27 4 54 2 1.2 73.5 54 0.01
KL34-03 77.4 80.4 0.026 260 0.04 8.1 3050 2740 47 48 23 2 3.2 21.2 70 0.01
KL34-03 80.4 83.3 0.118 1180 0.08 2.5 500 386 32 21 18 1 1.8 3.5 37 0.01
KL34-03 83.3 85.5 1.27 12700 0.19 11.8 407 580 980 26 39 3 37 12.5 133 0.34
KL34-03 85.5 88.3 0.5 5000 0.16 7.6 410 217 510 30 7 4 363 5.8 128 0.3
KL34-03 88.3 90 2.88 28800 0.35 22.3 417 255 990 47 64 21 336 24.5 326 0.75
KL34-03 90 93 1.08 10800 0.11 8.9 560 430 190 36 8 5 369 10.8 138 0.27
KL34-03 93 96 1.06 10600 0.2 33 700 520 1000 45 24 12 285 27.0 143 0.43
KL34-03 96 99 0.326 3260 0.13 18 345 287 430 13 7 10 235 4.8 328 0.28
KL34-03 99 102 0.149 1490 0.08 4.7 139 249 150 10 6 7 58 6.9 353 0.01
KL34-03 102 105 0.61 6100 0.25 26.9 630 317 1160 11 51 2 264 5.8 305 0.38
KL34-03 105 108 0.82 8200 0.29 53 1930 4800 630 10 53 4 217 8.5 129 0.66
KL34-03 108 111 0.372 3720 0.25 11.5 174 253 1130 23 30 4 69 9.3 112 0.27
KL34-03 111 114 0.192 1920 0.77 19.4 1780 2690 670 59 39 3 42 11.0 95 0.2
KL34-03 114 117 0.364 3640 0.59 20.8 4600 4380 1280 197 52 3 91 11.5 105 0.54
KL34-03 117 120 0.39 3900 0.69 13.8 5600 2500 1020 758 45 4 88 6.4 72 0.58
KL34-03 120 122.4 1.04 10400 0.73 16.8 1670 1550 2050 450 63 17 125 24.0 105 0.74
KL34-03 122.4 123.8 0.0231 231 0.26 7.1 4940 2260 54 17 17 1 10.7 10.0 20 0.11
KL34-03 123.8 126 0.0064 64 0.09 2 600 263 20 14 7 1 2.9 5.7 16 0.01



Appendix V - 243 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-03 126 128.2 0.0075 75 0.36 4.9 1720 630 55 52 20 3 3 8.7 19 0.01
KL34-03 128.2 129.4 0.0092 92 0.09 1 345 126 20 15 4 1 3.4 3.6 15 0.01
KL34-03 129.4 132 0.051 510 0.2 10.8 1200 1000 140 36 48 6 30 14.0 21 0.01
KL34-03 132 135 0.057 570 0.14 18.2 7700 1690 130 45 51 7 11.4 23.5 26 0.2
KL34-03 135 138 0.0201 201 0.19 18.1 1430 1760 83 20 42 1 6 17.8 30 0.01
KL34-03 138 141 0.074 740 1.34 33 9000 8500 190 85 62 3 80 41.0 41 1.08
KL34-03 141 142.7 0.0188 188 0.22 20.1 3230 4050 68 28 36 1 9.5 17.0 32 0.11
KL34-03 142.7 144.9 0.0332 332 0.49 16.2 7300 3100 64 70 34 1 10.3 17.5 36 0.21
KL34-03 144.9 147 0.0173 173 0.21 13.9 4740 3060 31 41 26 1 4.9 8.4 12 0.13
KL34-03 147 150 0.013 130 0.12 5.2 2430 2050 49 24 10 1 4.3 6.0 19 0.01
KL34-03 150 151.7 0.0078 78 0.06 2.3 1120 840 22 16 8 1 2.3 4.2 17 0.01
KL34-03 151.7 154.5 0.0063 63 0.03 1.6 410 910 11 20 4 1 1.5 2.5 11 0.01
KL34-03 154.5 157.4 0.13 1300 0.07 4.2 1100 1750 29 22 10 1 5.4 4.7 36 0.01
KL34-03 157.4 159.2 0.0157 157 0.08 4.1 1730 1550 30 13 6 1 3.7 5.2 12 0.01
KL34-03 159.2 162.1 0.0141 141 0.14 4.1 1450 1120 39 36 8 1 6 8.2 13 0.01
KL34-03 162.1 165 0.105 1050 0.72 64 36400 25100 250 763 181 4 45 93.0 29 0.35
KL34-03 165 167.6 0.0138 138 0.15 5.8 1920 2320 65 18 3 1 7 5.2 11 0.12
KL34-03 167.6 170.7 0.0241 241 0.13 5.9 2000 3590 36 17 7 1 5.6 7.5 9 0.1
KL34-03 170.7 172.5 0.0374 374 0.35 35 14000 10800 42 55 65 1 10 33.0 20 0.27
KL34-03 172.5 175.1 0.0139 139 0.07 3.7 3600 3660 19 6 3 1 4 5.8 9 0.01
KL34-03 175.1 177 0.0063 63 0.09 6.9 11300 10000 16 6 2 1 5.7 6.7 12 0.01
KL34-03 177 180 0.0062 62 0.08 1.8 1780 1070 21 14 2 1 2.2 3.1 10 0.01
KL34-03 180 182.3 0.0165 165 0.05 1.8 1220 790 22 12 3 1 0.9 2.9 14 0.01
KL34-03 182.3 185.8 0.0189 189 0.06 6.7 2670 2330 45 36 22 1 3 16.0 50 0.01
KL34-03 185.8 188.3 0.0057 57 0.07 1.6 3340 1780 24 7 1 1 1.8 2.6 10 0.01
KL34-03 188.3 191.3 0.0115 115 0.05 1.7 397 610 13 9 2 1 1.7 2.4 13 0.01
KL34-03 191.3 194.4 0.007 70 0.06 5.7 630 640 28 5 9 5 1.6 6.9 14 0.01
KL34-03 194.4 196.3 0.0079 79 0.03 1.8 660 560 19 5 2 1 1.9 4.6 11 0.01
KL34-03 196.3 198 0.0091 91 0.08 5.4 1600 4260 22 13 3 1 5.6 4.0 9 0.13
KL34-03 198 200.8 0.0067 67 0.03 0.9 250 355 8 8 1 1 1.4 2.2 14 0.01
KL34-03 200.8 203.5 0.0051 51 0.01 0.7 600 331 12 7 1 1 2.7 2.5 11 0.01
KL34-03 203.5 206.6 0.0064 64 0.02 1.2 440 570 13 10 1 1 3 2.3 16 0.01
KL34-03 206.6 209.5 0.0054 54 0.03 1.4 850 570 19 11 2 1 4.8 2.8 14 0.01
KL34-03 209.5 212.6 0.0037 37 0.05 1.5 800 610 14 22 3 1 3.3 5.5 13 0.01
KL34-03 212.6 215.6 0.0079 79 0.23 1.7 1960 440 41 12 4 1 4.1 4.1 15 0.01
KL34-03 215.6 218.3 0.0076 76 0.34 4.6 4700 2380 48 15 4 1 7.7 3.9 16 0.28
KL34-03 218.3 220.4 0.0087 87 0.37 8.4 8100 4500 37 12 4 1 13.8 5.0 14 0.23
KL34-03 220.4 222 0.0083 83 0.09 3.1 1770 1050 27 4 1 1 5.1 6.5 15 0.01
KL34-03 222 225 0.0064 64 0.04 1 670 490 36 26 2 1 2.8 1.8 25 0.01
KL34-03 225 228 0.046 460 0.77 7.6 28100 3600 140 34 4 1 28 13.3 18 4.07
KL34-03 228 231 0.83 8300 0.37 20.1 7300 4300 780 19 36 1 42 3.9 17 0.41
KL34-03 231 234 0.152 1520 0.26 13 7200 5300 180 20 22 2 15 4.5 22 0.33
KL34-03 234 237 0.205 2050 0.34 8.5 1680 1110 81 28 7 4 3.4 22.0 40 0.01
KL34-03 237 239.1 0.0072 72 0.05 2.3 800 620 21 13 5 1 0.8 4.0 17 0.01
KL34-03 239.1 241.5 0.0107 107 0.09 5.6 2980 2240 33 29 10 1 4.5 3.5 13 0.01
KL34-03 241.5 244.4 0.072 720 0.11 4.1 2130 1000 38 26 17 2 2.6 4.8 15 0.01
KL34-03 244.4 246.1 0.0297 297 0.06 3.4 860 520 38 74 18 1 1.4 4.8 14 0.01
KL34-03 246.1 248.6 0.141 1410 0.33 18.6 1960 910 60 27 147 3 0.8 33.1 19 0.01
KL34-03 248.6 251.4 0.33 3300 0.61 11 1220 314 28 10 33 18 2.3 25.0 20 0.01
KL34-03 251.4 254.4 0.201 2010 0.3 6.2 750 317 74 150 32 11 3.7 11.0 37 0.01
KL34-03 254.4 257.5 0.0303 303 0.05 1 134 61 10 710 30 3 0.8 2.5 72 0.01
KL34-03 257.5 259.3 0.126 1260 0.16 2.2 297 210 58 1020 26 6 3.3 8.0 44 0.01
KL34-03 259.3 261 0.085 850 0.06 1 145 80 13 450 3 5 2.6 3.0 22 0.01
KL34-03 261 264 0.21 2100 0.07 2.3 230 172 24 170 29 8 1.9 8.3 40 0.01
KL34-03 264 267 0.071 710 0.08 1.7 186 67 21 480 10 7 1.4 4.3 71 0.01
KL34-03 267 270 0.94 9400 0.45 12.3 4200 177 120 240 22 87 3.7 10.3 17 0.01
KL34-03 270 272.3 0.61 6100 0.18 15.8 3600 145 38 18 20 36 2.1 9.0 28 0.01
KL34-03 272.3 275.2 0.0117 117 0.05 2.5 1100 364 46 5 2 2 4.6 1.5 19 0.01
KL34-03 275.2 278.3 0.21 2100 0.13 10.2 4100 355 21 46 121 7 1.8 7.5 19 0.01
KL34-03 278.3 280.4 0.21 2100 0.09 9.1 2300 264 25 42 120 7 1.3 5.0 18 0.01
KL34-03 280.4 281.9 0.395 3950 0.47 11.2 4700 610 280 250 83 15 5 8.0 20 1.34
KL34-03 281.9 284.9 0.74 7400 0.75 23.6 15300 1770 360 10 202 22 9 9.3 40 0.39
KL34-03 284.9 287.9 0.61 6100 0.66 19.4 2700 361 58 200 66 20 1.3 9.0 13 0.01



Appendix V - 244 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-03 287.9 291 1.03 10300 1.8 16.3 7600 1410 290 13 75 19 6.9 25.5 20 0.36
KL34-03 291 294 0.78 7800 0.52 6.6 4200 1940 78 200 10 13 5.6 19.5 69 0.1
KL34-03 294 297 0.42 4200 0.38 22.5 1600 2700 100 79 48 5 15.5 13.8 56 0.15
KL34-03 297 300 2.53 25300 2.04 6.9 690 275 100 10 3 84 4.3 31.0 105 1.05
KL34-03 300 303 1.27 12700 2.8 253 3700 10500 610 3 152 21 14 23.0 108 1.43
KL34-03 303 306 2.94 29400 1.46 15.6 750 2900 70 19 7 108 2.4 55.0 36 0.2
KL34-03 306 309 4.18 41800 1.72 12.7 160 1080 100 4 3 78 3.6 41.0 133 0.4
KL34-03 309 312 3.05 30500 2.16 6.6 77 186 6 3 2 62 0.6 27.0 60 0.01
KL34-03 312 315 0.58 5800 2.18 68 20500 20900 94 30 218 15 17 33.0 208 1.37
KL34-03 315 316.8 3.3 33000 0.98 9.8 860 500 2000 26 3 95 250 38.5 179 5.63
KL34-03 316.8 318 0.47 4700 0.15 1.4 540 134 390 272 1 23 26 23.8 116 0.82
KL34-03 318 321 0.99 9900 0.31 6.8 3300 700 1890 32 3 20 720 20.8 142 0.01
KL34-03 321 324 1.03 10300 0.4 14.4 8700 4200 2000 139 4 26 1340 26.5 169 13.4
KL34-03 324 327 1.15 11500 0.2 2.4 407 310 360 57 0.01 24 90 13.3 140 0.65
KL34-03 327 330 0.45 4500 0.11 0.9 370 132 180 46 1 23 2.5 28.3 117 0.24
KL34-03 330 333 0.37 3700 0.08 0.9 134 83 100 140 0.01 22 1.8 18.3 103 0.1
KL34-03 333 336 0.48 4800 0.11 1 107 76 250 77 1 33 2.4 15.6 75 0.12
KL34-03 336 339 0.38 3800 0.1 2 224 195 140 62 0.01 35 18.5 19.0 111 0.17
KL34-03 339 342.1 0.62 6200 0.25 1.7 82 76 50 33 2 22 1.5 12.8 80 0.01
KL34-03 342.1 345 0.81 8100 0.11 2.1 39 23 15 46 0.01 25 1 15.5 132 0.01
KL34-03 345 348 1.25 12500 0.37 3 42 28 46 47 0.01 46 2 20.5 113 0.01
KL34-03 348 351 0.96 9600 0.26 2.7 1350 278 430 71 4 46 5.2 15.8 94 0.35
KL34-03 351 354 0.67 6700 0.23 1.7 95 40 37 131 0.01 23 0.8 10.3 111 0.01
KL34-03 354 357 0.71 7100 0.14 3.5 2200 930 160 910 0.01 5 6.6 6.8 187 0.43
KL34-03 357 360 1.28 12800 0.15 3.3 560 326 91 130 0.01 18 3 10.5 93 0.12
KL34-03 360 363 0.87 8700 0.1 1.9 297 58 11 180 3 16 1 6.3 87 0.01
KL34-03 363 366 0.7 7000 0.06 1.4 45 21 6 190 0.01 10 1 8.2 86 0.01
KL34-03 366 368.6 1 10000 0.1 1.6 67 45 9 290 0.01 13 1 11.3 74 0.01
KL34-03 368.6 371.6 0.72 7200 0.31 1.8 47 12 5 160 1 10 1.2 6.8 80 0.01
KL34-03 371.6 374.6 0.71 7100 0.22 1.5 72 23 7 85 1 10 1.5 7.3 82 0.01
KL34-03 374.6 376 1.02 10200 0.15 1.9 81 26 12 320 0.01 14 6.7 7.0 104 0.01
KL34-03 376 378 1.05 10500 0.38 2.7 383 83 22 151 2 13 1.7 7.8 76 0.01
KL34-03 378 381 0.9 9000 0.27 1.6 68 23 25 340 0.01 11 0.6 11.8 68 0.01
KL34-03 381 384 0.9 9000 0.43 2.2 165 95 62 530 0.01 21 2.1 12.0 40 0.01
KL34-03 384 386 1.21 12100 0.24 3.5 710 590 290 294 1 27 52 11.0 21 0.61
KL34-03 386 388.9 2.91 29100 1.11 5 312 164 120 210 0.01 27 28 21.0 152 0.25
KL34-03 388.9 391.3 2.25 22500 0.91 2.5 169 47 11 310 0.01 30 2 16.5 128 0.14
KL34-03 391.3 393 0.89 8900 0.24 1.5 361 160 10 150 0.01 11 1.3 8.8 178 0.01
KL34-03 393 396 0.93 9300 0.19 4.9 249 127 480 650 3 7 135 8.0 87 0.39
KL34-03 396 399 0.71 7100 0.21 5.1 520 3200 1100 1490 3 5 125 5.8 118 0.63
KL34-03 399 401.2 0.4 4000 0.1 0.8 183 267 210 230 0.01 4 10.3 4.5 119 0.18
KL34-03 401.2 403.7 0.42 4200 0.1 1 350 181 54 900 0.01 6 1.6 5.8 184 0.11
KL34-03 403.7 406.3 0.48 4800 0.14 1.2 307 151 39 190 0.01 16 1.5 10.7 114 0.01
KL34-03 406.3 408.2 0.52 5200 0.09 1 299 185 32 390 0.01 5 1.7 5.5 258 0.01
KL34-03 408.2 411.2 0.88 8800 0.31 1.1 120 31 7 280 1 6 1 6.5 269 0.01
KL34-03 411.2 414 0.78 7800 0.21 0.9 84 31 5 230 0.01 8 0.5 7.5 206 0.01
KL34-03 414 417 2.91 29100 1.45 2.3 62 8 4 72 0.01 20 0.5 17.5 129 0.01
KL34-03 417 420 0.79 7900 0.18 1.6 330 137 14 150 0.01 11 0.7 10.0 296 0.01
KL34-03 420 422.9 0.29 2900 0.07 1.5 254 121 15 110 0.01 6 1.5 4.0 274 0.01
KL34-03 422.9 426 0.47 4700 0.07 1.4 196 92 6 172 0.01 6 0.5 5.3 122 0.01
KL34-03 426 428.3 0.52 5200 0.09 1.2 67 30 5 370 0.01 8 0.3 5.5 128 0.01
KL34-03 428.3 431.1 0.47 4700 0.12 0.9 405 247 120 180 0.01 8 1.9 5.3 120 0.14
KL34-03 431.1 434.1 0.58 5800 0.12 1.2 164 60 18 130 0.01 13 0.7 7.5 98 0.01
KL34-03 434.1 436 0.49 4900 0.05 1 81 20 8 78 0.01 9 0.4 6.3 102 0.01
KL34-03 436 438 0.57 5700 0.08 1 194 78 15 160 0.01 4 1.9 4.7 94 0.01
KL34-03 438 441 0.84 8400 0.18 1.5 87 75 12 920 0.01 7 0.3 8.3 135 0.01
KL34-03 441 444 0.52 5200 0.14 1 77 61 3 210 0.01 6 0.3 7.0 155 0.01
KL34-03 444 447 0.45 4500 0.13 0.7 47 20 3 47 0.01 7 0.6 7.5 328 0.01
KL34-03 447 450 0.79 7900 0.26 1.3 26 15 76 53 0.01 11 0.6 9.4 350 0.01
KL34-03 450 453 0.51 5100 0.09 0.8 23 18 43 250 0.01 7 0.3 6.8 170 0.01
KL34-03 453 456 0.77 7700 0.12 1.3 39 35 170 47 0.01 10 0.8 7.8 154 0.01
KL34-03 456 458.1 1.04 10400 0.21 2.1 78 67 290 52 0.01 12 1.4 7.3 251 0.01
KL34-03 458.1 461.1 0.53 5300 0.13 1.3 40 41 130 35 1 7 1.9 5.7 379 0.01



Appendix V - 245 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-03 461.1 464.2 1.24 12400 0.16 2.4 149 385 1000 95 0.01 10 4.6 8.5 186 0.01
KL34-03 464.2 467 1.2 12000 0.15 2.2 60 37 24 53 0.01 10 0.6 8.9 180 0.01
KL34-03 467 470 0.89 8900 0.2 1.4 23 45 11 35 0.01 9 0.2 5.0 198 0.01
KL34-03 470 472.1 0.95 9500 0.09 1.7 279 580 1260 44 0.01 7 5.4 8.5 154 0.01
KL34-03 472.1 474 0.785 7850 0.1 1.5 25 30 670 61 0.01 9 0.7 7.8 145 0.01
KL34-03 474 477 0.84 8400 0.11 1.4 18 15 220 236 0.01 7 0.5 8.5 324 0.01
KL34-03 477 479 0.84 8400 0.09 1.5 19 15 39 90 0.01 10 0.4 9.6 319 0.01
KL34-03 479 481.2 1.17 11700 0.1 3.7 1760 980 490 56 2 7 15.5 11.8 146 0.79
KL34-03 481.2 483 0.96 9600 0.12 1.8 940 307 33 47 0.01 7 1.2 8.5 125 0.14
KL34-03 483 486 0.73 7300 0.12 1.2 47 23 6 49 0.01 8 0.5 6.8 112 0.01
KL34-03 486 489 0.75 7500 0.17 2.1 740 325 28 130 0.01 8 0.7 7.8 113 0.01
KL34-03 489 492 1.13 11300 0.18 14.3 2600 1490 150 90 11 7 8.9 10.9 129 0.34
KL34-03 492 495 1.24 12400 0.12 2.1 108 47 59 74 0.01 9 0.01 8.4 133 0.01
KL34-03 495 498 1.04 10400 0.08 1.5 55 26 36 33 0.01 10 0.01 10.4 121 0.01
KL34-03 498 501 0.71 7100 0.04 0.9 480 423 27 50 0.01 7 2 3.8 142 0.01
KL34-03 501 504 0.86 8600 0.05 0.6 73 38 38 195 0.01 15 0.5 4.3 118 0.01
KL34-03 504 507 0.795 7950 0.07 1.6 232 151 290 188 1 10 17.2 4.5 153 0.16
KL34-03 507 510 0.65 6500 0.1 1.5 82 100 210 160 1 8 2 4.3 150 0.14
KL34-03 510 513 0.73 7300 0.12 4.7 321 118 1790 530 0.01 8 10 4.5 148 0.24
KL34-03 513 516 0.67 6700 0.25 2 99 73 420 110 0.01 12 2.6 6.1 152 0.1
KL34-03 516 519 0.9 9000 0.18 1.5 118 91 1180 165 0.01 10 3.1 3.5 169 0.01
KL34-03 519 522 0.86 8600 0.13 1.6 103 17 400 121 0.01 13 1.1 5.0 143 0.01
KL34-03 522 525 0.7 7000 0.14 1.3 33 10 7 107 0.01 11 0.3 7.3 137 0.01
KL34-03 525 528 0.86 8600 0.17 1.9 56 16 9 185 0.01 12 0.01 4.9 123 0.01
KL34-03 528 531 0.825 8250 0.06 2.1 840 510 380 133 0.01 11 9.7 4.8 123 0.34
KL34-03 531 534 0.605 6050 0.08 1.3 49 32 270 244 0.01 11 1.1 6.2 121 0.01
KL34-03 534 537 0.635 6350 0.09 3.6 382 56 1875 167 2 12 24 5.0 130 0.6
KL34-03 537 540 0.535 5350 0.06 8.5 76 47 110 165 1 8 5 4.0 151 0.18
KL34-03 540 543 0.44 4400 0.04 1 122 50 40 53 0.01 9 3.4 3.8 142 0.01
KL34-03 543 546 0.79 7900 0.09 1.9 430 101 64 233 0.01 9 18.5 5.0 152 0.21
KL34-03 546 549 0.79 7900 0.08 3.3 830 387 220 267 1 8 34 6.0 123 0.29
KL34-03 549 552 2.16 21600 0.24 4.1 434 109 60 163 0.01 25 0.01 15.5 104 0.1
KL34-03 552 555 3.01 30100 1.09 3.9 161 14 5 155 0.01 57 5.1 40.0 39 0.12
KL34-03 555 558 1.25 12500 0.67 2 252 10 7 9 0.01 36 0.01 6.8 24 0.01
KL34-03 558 561 1.28 12800 0.4 1.9 113 11 4 14 0.01 34 0.01 8.2 24 0.01
KL34-03 561 564 1.42 14200 0.34 3.6 101 11 2 33 0.01 33 0.01 7.0 56 0.01
KL34-03 564 566.8 0.65 6500 0.25 1.4 97 11 3 4 0.01 37 1 6.3 40 0.01
KL34-03 566.8 569 0.149 1490 0.07 0.1 81 14 0.01 11 0.01 17 0.9 2.5 53 0.01
KL34-03 569 572.1 0.64 6400 0.22 1.7 76 11 1 24 0.01 29 0.01 6.3 26 0.01
KL34-03 572.1 575.2 0.185 1850 0.08 0.7 56 8 2 9 0.01 30 0.5 3.2 29 0.01
KL34-03 575.2 578.3 0.274 2740 0.1 0.8 84 10 2 34 0.01 18 0.4 4.3 19 0.01
KL34-03 578.3 581.4 0.332 3320 0.14 1 97 12 1 24 0.01 31 1.2 5.3 49 0.01
KL34-03 581.4 583.9 1.21 12100 0.26 3.2 165 10 1 66 0.01 47 0.01 32.0 24 0.01
KL34-03 583.9 585.7 0.342 3420 0.08 1 92 9 0.01 17 0.01 32 0.01 7.8 22 0.01
KL34-03 585.7 588 0.393 3930 0.17 1.4 101 9 1 6 0.01 34 0.01 8.3 47 0.01
KL34-03 588 591 0.89 8900 0.32 2.3 129 13 3 87 0.01 41 0.01 15.6 39 0.01
KL34-03 591 594 0.59 5900 0.27 1.8 125 7 0.01 6 0.01 33 0.01 6.5 59 0.01
KL34-03 594 597 0.8 8000 0.23 2.1 81 135 1 52 0.01 16 0.01 8.1 103 0.01
KL34-03 597 600 1.02 10200 0.32 2.8 70 6 1 23 0.01 19 0.01 9.3 126 0.01
KL34-03 600 603 0.437 4370 0.16 1.3 56 5 0.01 36 0.01 15 0.01 7.0 143 0.01
KL34-03 603 606 0.194 1940 0.08 0.1 65 6 1 7 0.01 28 0.01 4.0 44 0.01
KL34-03 606 609 0.255 2550 0.08 1 69 8 2 21 0.01 48 0.01 18.9 60 0.01
KL34-03 609 612 0.464 4640 0.15 1.3 84 6 5 20 0.01 36 1 8.7 31 0.01
KL34-03 612 615 0.5 5000 0.17 1.6 70 8 1 43 1 24 0.01 8.8 40 0.01
KL34-03 615 618 0.249 2490 0.06 0.8 57 8 8 24 0.01 27 0.01 5.9 32 0.01
KL34-03 618 621 0.178 1780 0.03 0.5 27 8 1 9 0.01 9 0.01 3.6 19 0.01
KL34-03 621 623.4 0.53 5300 0.26 2.3 143 14 1 45 0.01 29 0.01 13.1 46 0.01
KL34-03 623.4 626 0.35 3500 0.15 1.2 99 10 0.01 57 0.01 32 0.3 21.0 53 0.01
KL34-03 626 628.5 0.348 3480 0.13 0.9 119 8 2 27 0.01 21 0.01 11.7 47 0.01
KL34-03 628.5 631.6 0.138 1380 0.06 0.1 60 8 4 16 0.01 15 0.01 7.0 44 0.01
KL34-03 631.6 634.6 0.63 6300 0.17 1.4 40 10 5 30 0.01 14 0.01 13.3 67 0.01
KL34-03 634.6 637.1 0.78 7800 0.15 2.1 78 247 46 108 1 13 11.3 6.7 317 0.1
KL34-03 637.1 639 0.038 380 0.02 0.1 49 121 19 139 0.01 5 0.8 3.3 155 0.01



Appendix V - 246 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-03 639 642 0.059 590 0.01 0.1 91 50 12 290 0.01 14 0.01 8.4 331 0.01
KL34-03 642 645 0.152 1520 0.01 0.1 145 87 28 400 0.01 8 0.01 5.3 114 0.01
KL34-03 645 648 0.183 1830 0.01 0.1 114 50 23 156 0.01 5 1 8.8 102 0.01
KL34-03 648 651 0.175 1750 0.01 0.1 39 48 19 168 0.01 9 1 6.5 230 0.01
KL34-03 651 654 0.258 2580 0.01 0.1 37 25 4 95 0.01 6 0.01 3.7 206 0.01
KL34-03 654 657 0.212 2120 0.01 0.1 37 35 6 64 0.01 6 0.6 3.3 207 0.01
KL34-03 657 660 0.28 2800 0.02 0.1 38 28 0.01 107 0.01 7 0.01 3.5 71 0.01
KL34-03 660 663 0.209 2090 0.01 0.1 84 64 1 41 0.01 7 0.01 3.9 203 0.01
KL34-03 663 666 0.259 2590 0.02 0.6 70 47 78 125 0.01 7 0.01 3.8 95 0.01
KL34-03 666 669 0.219 2190 0.01 0.1 36 48 5 82 0.01 4 0.01 3.5 56 0.01
KL34-03 669 672 0.245 2450 0.01 0.1 35 22 1 70 0.01 4 0.01 3.0 65 0.01
KL34-03 672 675 0.189 1890 0.01 0.1 47 21 1 104 0.01 7 0.01 3.8 182 0.01
KL34-03 675 678 0.227 2270 0.06 2.2 72 35 100 209 0.01 6 0.01 4.0 45 0.15
KL34-03 678 681 0.164 1640 0.05 2.6 48 100 92 71 0.01 13 0.01 5.5 93 0.27
KL34-03 681 684 0.213 2130 0.03 0.7 33 23 2 56 0.01 7 0.01 3.6 107 0.01
KL34-03 684 687 0.181 1810 0.02 0.8 33 25 15 200 0.01 6 1 3.2 102 0.01
KL34-03 687 690 0.241 2410 0.05 1.2 100 210 65 169 1 16 9.9 6.8 91 0.1
KL34-03 690 693 0.197 1970 0.03 0.1 39 33 8 135 0.01 8 0.8 2.9 247 0.01
KL34-03 693 696 0.305 3050 0.1 1.3 45 30 3 170 1 7 0.3 4.3 84 0.01
KL34-03 696 699 0.186 1860 0.03 0.7 43 24 4 67 0.01 8 0.4 5.3 105 0.01
KL34-03 699 702 0.189 1890 0.01 1.4 90 63 60 112 1 6 1.6 3.3 93 0.13
KL34-03 702 705 0.193 1930 0.01 0.8 74 47 18 54 1 6 0.5 5.0 124 0.01
KL34-03 705 708 0.223 2230 0.02 0.9 65 42 9 51 0.01 6 0.8 3.7 231 0.01
KL34-03 708 711 0.167 1670 0.02 1.3 93 44 190 61 0.01 5 1.4 7.2 113 0.01
KL34-03 711 714 0.387 3870 0.03 6.3 306 76 790 121 22 6 11.3 4.4 100 0.12
KL34-03 714 717 0.183 1830 0.01 0.1 68 39 16 88 0.01 4 0.5 2.4 96 0.01
KL34-03 717 720 0.2 2000 0.02 1.2 62 35 140 140 6 20 2.5 10.3 100 0.01
KL34-03 720 723 0.168 1680 0.02 0.8 80 55 2 49 0.01 6 0.9 2.5 242 0.01
KL34-03 723 726 0.136 1360 0.01 1 70 64 6 90 0.01 7 0.7 2.9 240 0.01
KL34-03 726 729 0.207 2070 0.01 4.3 65 44 110 37 2 6 1.5 3.8 224 0.01
KL34-03 729 732 0.266 2660 0.04 4.7 201 65 600 99 3 7 33 3.6 247 0.01
KL34-03 732 734.7 0.223 2230 0.03 9.9 144 197 250 46 1 9 1.3 7.6 231 0.17
KL34-04 0 3.6 0.0157 157 0.05 0.5 410 170 7 14 0.01 1 0.8 1.2 24 0.01
KL34-04 3.6 6.3 0.003 30 0.02 0.7 460 139 7 5 0.01 1 1 1.3 23 0.01
KL34-04 6.3 10.2 0.0041 41 0.01 1.2 740 225 17 4 0.01 1 1.8 2.1 22 0.01
KL34-04 10.2 14.6 0.0031 31 0.01 1.3 430 204 16 4 0.01 1 1.9 2.5 16 0.01
KL34-04 14.6 17.7 0.0122 122 0.01 0.9 331 145 11 8 0.01 1 0.8 1.9 14 0.01
KL34-04 17.7 20.8 0.0012 12 0.01 0.1 114 69 17 3 0.01 3 0.4 1.1 21 0.01
KL34-04 20.8 23.6 0.0046 46 0.07 1.1 590 240 14 6 0.01 2 1.8 1.8 18 0.01
KL34-04 23.6 26.7 0.0045 45 0.05 1.7 1190 550 21 4 0.01 1 1.4 4.6 25 0.01
KL34-04 26.7 29.8 0.0085 85 0.01 0.1 100 60 9 3 0.01 1 0.01 1.9 24 0.01
KL34-04 29.8 32.8 0.004 40 0.08 0.1 266 100 11 3 0.01 1 0.6 1.5 21 0.01
KL34-04 32.8 35.8 0.0189 189 0.04 1.1 600 255 22 2 1 1 1.3 1.6 24 0.01
KL34-04 35.8 38.8 0.0071 71 0.03 0.1 303 130 7 3 0.01 1 0.4 1.3 16 0.01
KL34-04 38.8 41.6 0.0053 53 0.23 0.1 335 124 9 5 0.01 1 1.1 1.9 20 0.01
KL34-04 41.6 44.8 0.0023 23 0.02 1.2 96 174 7 4 2 1 0.3 3.4 21 0.01
KL34-04 44.8 47 0.0371 371 0.03 25 14100 15900 77 5 35 2 6.2 13.6 20 0.18
KL34-04 47 50.8 0.177 1770 0.14 48 2500 31400 590 10 19 2 13.3 25.9 19 0.17
KL34-04 50.8 53.5 0.0045 45 0.03 1.2 510 910 19 6 0.01 1 1.6 3.1 20 0.01
KL34-04 53.5 56.6 0.0041 41 0.03 1.1 385 920 38 4 0.01 1 1.4 1.5 30 0.01
KL34-04 56.6 59.7 0.0185 185 0.01 1 248 580 24 2 0.01 1 1.8 1.4 20 0.01
KL34-04 59.7 62.8 0.003 30 0.01 0.7 560 550 13 4 0.01 2 0.6 2.0 33 0.01
KL34-04 62.8 65.2 0.0066 66 0.02 2.6 450 1110 35 5 4 1 2.8 9.4 40 0.01
KL34-04 65.2 68.8 0.0114 114 0.01 3.5 560 255 35 10 16 1 1.2 10.0 45 0.01
KL34-04 68.8 71.8 0.0153 153 0.01 11.8 1740 1710 39 7 32 1 2.8 14.8 29 0.01
KL34-04 71.8 74.8 0.0053 53 0.01 22.2 262 1930 29 5 55 1 1.1 21.2 34 0.01
KL34-04 74.8 77.8 0.0046 46 0.01 36.8 500 4850 25 33 86 1 1 58.0 28 0.01
KL34-04 77.8 80.8 0.0156 156 0.14 29 1570 3410 140 42 159 1 4.2 53.5 39 0.2
KL34-04 80.8 83.8 0.0042 42 0.06 1.5 650 600 100 39 3 1 2.3 12.9 25 0.1
KL34-04 83.8 86.8 0.0121 121 0.01 5.9 590 1470 78 77 26 2 1.6 22.0 42 0.01
KL34-04 86.8 89.8 0.0207 207 0.01 0.9 98 135 46 30 3 1 0.8 5.5 25 0.01
KL34-04 89.8 92.8 0.0113 113 0.01 4.1 405 378 39 19 26 1 1.1 15.5 54 0.01
KL34-04 92.8 95.8 0.171 1710 0.01 5.8 1640 740 150 920 50 8 3.5 12.4 68 0.01



Appendix V - 247 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-04 95.8 98.8 0.055 550 0.02 1.2 139 90 120 35 6 4 4.3 4.4 75 0.01
KL34-04 98.8 101.8 0.0389 389 0.02 0.1 168 105 61 32 1 4 1.8 1.8 120 0.01
KL34-04 101.8 104.8 0.0131 131 0.01 0.7 288 221 30 39 2 3 1 1.4 145 0.01
KL34-04 104.8 106.4 0.0327 327 0.01 0.6 227 108 25 17 2 2 1.6 1.0 87 0.01
KL34-04 106.4 109.7 0.63 6300 0.16 21.8 3530 1780 750 28 122 23 49 2.8 65 0.34
KL34-04 109.7 112.1 9.82 98200 0.66 102 20000 12600 2600 90 244 4 570 15.0 80 1.39
KL34-04 112.1 115.5 0.144 1440 0.14 7.1 3230 1800 390 29 18 6 30 7.8 66 0.15
KL34-04 115.5 118.8 0.184 1840 0.06 13.2 4500 8000 470 30 17 2 33 6.0 84 0.43
KL34-04 118.8 122 0.098 980 0.05 4.7 860 900 180 17 7 1 16.9 4.9 92 0.1
KL34-04 122 125.8 0.048 480 0.08 3.3 365 209 140 18 20 4 5 5.4 155 0.01
KL34-04 125.8 128 0.0112 112 0.06 1.4 210 117 37 26 4 1 1.7 2.0 102 0.01
KL34-04 128 131 0.0117 117 0.11 2.3 389 540 61 39 6 3 4.7 3.9 67 0.01
KL34-04 131 134.8 0.172 1720 0.13 5.2 740 480 660 51 12 3 19 3.8 91 0.11
KL34-04 134.8 137.7 0.168 1680 0.27 8 620 560 610 530 21 6 30 6.0 58 0.14
KL34-04 137.7 140.8 0.055 550 0.59 5.3 620 730 260 1320 18 7 41 5.5 65 0.13
KL34-04 140.8 143.8 0.3 3000 1.22 14.6 6600 1110 840 3625 84 21 24 0.9 75 0.22
KL34-04 143.8 145.1 0.025 250 0.05 2.9 850 372 20 115 11 4 1.6 6.1 14 0.01
KL34-04 145.1 148.1 0.024 240 0.16 6.5 293 420 96 380 32 3 4.7 15.7 42 0.01
KL34-04 148.1 151 0.0086 86 0.07 8.1 256 540 23 95 41 2 1.4 9.7 16 0.01
KL34-04 151 154.9 0.0211 211 0.1 18.9 450 1240 77 108 65 2 5.3 11.8 24 0.01
KL34-04 154.9 158.8 0.004 40 0.03 6 190 480 31 40 17 1 1.1 3.7 18 0.01
KL34-04 158.8 162.1 0.063 630 0.11 24.3 5000 1600 180 71 78 3 23 13.2 29 0.11
KL34-04 162.1 164 0.078 780 0.18 28.6 2700 7100 120 126 64 8 3 8.2 29 0.01
KL34-04 164 167.1 0.048 480 0.22 6 440 870 200 360 18 6 8.3 3.8 39 0.1
KL34-04 167.1 169.9 0.0123 123 0.03 7.2 2400 1680 36 55 14 1 2.3 3.6 23 0.01
KL34-04 169.9 172.6 0.0235 235 0.04 40 10600 13400 48 33 79 1 5.2 12.3 25 0.01
KL34-04 172.6 175.1 0.0296 296 0.05 29 9700 14700 51 76 62 1 6.4 12.2 28 0.1
KL34-04 175.1 178.4 0.083 830 0.1 88 35700 41800 76 103 195 3 21 38.1 35 0.19
KL34-04 178.4 182.6 0.0198 198 0.02 26.2 5100 8200 26 56 60 1 3.5 10.6 25 0.01
KL34-04 182.6 185.8 0.0124 124 0.08 7.2 8000 3400 33 20 14 1 5.8 8.7 17 0.1
KL34-04 185.8 189.9 0.006 60 0.02 5.4 1370 1540 12 24 10 1 1.8 5.4 24 0.01
KL34-04 189.9 193.2 0.0054 54 0.01 31 5700 22400 17 5 3 2 37 4.3 11 0.16
KL34-04 193.2 196.3 0.0167 167 0.01 23 2900 26100 30 10 13 1 26 5.7 21 0.01
KL34-04 196.3 199.8 0.0054 54 0.01 3.7 880 1100 13 15 6 2 0.7 3.5 10 0.01
KL34-04 199.8 203.2 0.053 530 0.13 12.6 6450 11000 150 81 13 8 14 32.5 14 0.1
KL34-04 203.2 205.3 0.0049 49 0.02 6.3 2350 9800 8 8 3 1 7 7.1 10 0.01
KL34-04 205.3 208.2 0.0013 13 0.01 0.9 257 580 4 7 1 2 0.8 1.8 11 0.01
KL34-04 208.2 211 0.0027 27 0.01 1.6 1010 9300 5 3 1 1 0.8 2.8 8 0.01
KL34-04 211 213 0.0058 58 0.01 2 1420 1740 4 2 2 1 1.4 3.7 9 0.01
KL34-04 213 215.8 0.0031 31 0.01 1 359 294 16 14 1 1 0.9 2.6 16 0.01
KL34-04 215.8 218.8 0.0012 12 0.01 0.7 223 310 5 4 1 1 0.4 1.7 9 0.01
KL34-04 218.8 221.8 0.0029 29 0.03 2.6 2030 1160 8 5 3 1 1.4 3.1 16 0.01
KL34-04 221.8 224.8 0.0014 14 0.01 0.9 287 420 3 6 2 1 0.3 2.1 14 0.01
KL34-04 224.8 227.7 0.0043 43 0.01 0.6 319 430 5 5 1 1 0.6 2.8 12 0.01
KL34-04 227.7 230.8 0.002 20 0.01 1.3 780 760 4 3 1 1 0.7 2.9 12 0.01
KL34-04 230.8 233.8 0.0053 53 0.02 4.4 2120 1910 18 7 3 1 2.6 3.7 13 0.01
KL34-04 233.8 236.8 0.005 50 0.02 2.9 2370 600 17 45 6 3 2.3 3.4 16 0.01
KL34-04 236.8 239.8 0.0052 52 0.09 4.3 315 520 18 38 32 1 9.1 3.7 13 0.01
KL34-04 239.8 242.6 0.0028 28 0.05 1.1 1150 490 22 15 2 1 2.4 2.4 16 0.01
KL34-04 242.6 245.7 0.003 30 0.02 0.9 590 342 12 11 2 1 1.9 1.6 13 0.01
KL34-04 245.7 248.8 0.0027 27 0.01 0.7 220 285 22 26 1 1 1.9 2.3 14 0.01
KL34-04 248.8 251.8 0.0061 61 0.07 1.6 1310 520 30 13 4 1 1.5 5.0 18 0.01
KL34-04 251.8 254.8 0.0101 101 0.09 4.9 2450 1620 26 26 17 1 3.7 14.0 20 0.01
KL34-04 254.8 257.8 0.0029 29 0.04 1.3 570 352 16 11 4 1 1.1 2.5 14 0.01
KL34-04 257.8 259.9 0.0035 35 0.02 0.7 450 146 10 4 1 1 0.9 1.9 14 0.01
KL34-04 259.9 262.3 0.0046 46 0.03 0.9 136 154 11 16 3 1 0.4 1.5 14 0.01
KL34-04 262.3 265.6 0.0098 98 0.02 1.3 160 178 26 13 6 1 1.4 1.6 15 0.01
KL34-04 265.6 269.1 0.0044 44 0.02 0.9 740 420 18 21 4 1 0.8 2.5 14 0.01
KL34-04 269.1 272.1 0.0203 203 0.04 0.5 224 61 43 26 6 2 1.9 3.5 16 0.01
KL34-04 272.1 274.9 0.063 630 0.07 0.8 190 91 82 20 11 3 2.3 4.4 12 0.01
KL34-04 274.9 276.7 0.178 1780 0.36 2.5 540 278 76 7 92 15 1.5 37.4 34 0.01
KL34-04 276.7 280.4 0.0235 235 0.06 0.9 730 193 23 230 7 3 0.9 1.8 24 0.01
KL34-04 280.4 283.6 0.0201 201 0.08 0.8 103 102 18 370 4 2 0.9 2.5 31 0.01



Appendix V - 248 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-04 283.6 287 0.0226 226 0.12 1.9 268 257 31 840 21 2 1.1 3.8 28 0.01
KL34-04 287 289.4 0.342 3420 0.27 4.2 8500 286 24 164 28 55 1.8 6.9 32 0.01
KL34-04 289.4 292.4 0.086 860 0.11 2.3 4380 205 56 4 18 7 2.5 9.3 16 0.01
KL34-04 292.4 295.7 0.58 5800 0.71 9.3 680 92 60 164 3 27 0.8 5.5 37 0.01
KL34-04 295.7 298.8 0.26 2600 0.37 10 1000 241 50 315 50 13 2.6 7.0 26 0.01
KL34-04 298.8 301.3 0.34 3400 0.22 6.6 550 102 120 85 12 21 2.6 6.3 20 0.01
KL34-04 301.3 305.2 1 10000 0.52 4.8 750 65 87 23 2 53 4.8 8.0 18 0.01
KL34-04 305.2 308.8 0.204 2040 0.24 1.9 330 166 82 13 2 13 4.2 5.5 19 0.01
KL34-04 308.8 310.8 0.501 5010 0.2 6.5 820 340 90 9 6 23 5.2 10.8 21 0.01
KL34-04 310.8 313.8 0.26 2600 0.13 2.4 5960 780 120 7 4 14 13.5 8.8 19 0.01
KL34-04 313.8 317.8 1.04 10400 0.43 17.2 4000 3100 170 150 33 20 32 8.0 38 0.01
KL34-04 317.8 320.8 0.121 1210 0.25 3.2 680 106 31 337 3 1 5.2 5.3 22 0.01
KL34-04 320.8 323.5 0.467 4670 0.47 10 3720 920 140 143 25 30 11.1 18.5 53 0.01
KL34-04 323.5 325.6 0.488 4880 0.58 6.7 6700 365 130 14 45 48 3.4 26.5 32 0.01
KL34-04 325.6 328.3 0.95 9500 0.87 4.4 8800 177 230 14 126 40 3.2 61.5 40 0.01
KL34-04 328.3 329.8 1.86 18600 1.56 4.5 4100 117 300 14 25 150 2.1 20.0 37 0.01
KL34-04 329.8 332.9 4.66 46600 1.56 6.5 940 150 490 1 4 70 4.5 15.0 33 0.01
KL34-04 332.9 335.7 3.44 34400 1.72 4.5 810 176 44 2 9 67 2.2 10.0 25 0.01
KL34-04 335.7 338.3 5.07 50700 1.86 8.6 1460 110 260 1 7 63 3.1 18.8 51 0.01
KL34-04 338.3 341.4 4.11 41100 1.88 8.9 1480 630 350 47 3 34 6 19.0 57 0.01
KL34-04 341.4 344.1 2.97 29700 0.72 16 2010 710 170 72 4 27 114 22.5 105 0.2
KL34-04 344.1 347 1.62 16200 0.14 6.7 830 460 270 291 2 17 60 14.5 86 0.35
KL34-04 347 350 0.95 9500 0.08 1 205 121 13 54 0.01 14 1.2 15.5 54 0.11
KL34-04 350 353.1 1.37 13700 0.11 3 790 430 110 182 0.01 13 9.7 12.8 112 0.35
KL34-04 353.1 356.2 0.56 5600 0.15 8.9 740 540 76 39 2 12 18.2 6.5 93 0.01
KL34-04 356.2 359.3 1.32 13200 0.25 4.3 209 103 57 59 1 23 11.8 13.6 48 0.1
KL34-04 359.3 362.3 1.07 10700 0.44 5.9 312 158 33 28 1 11 7 8.0 86 0.01
KL34-04 362.3 365.4 1.25 12500 0.5 7.2 103 64 16 15 5 11 5.3 4.8 76 0.1
KL34-04 365.4 368.5 0.58 5800 0.21 5 364 269 12 29 3 9 7.4 6.0 38 0.01
KL34-04 368.5 371.6 0.93 9300 0.21 2.8 560 335 120 62 2 13 14.3 10.0 59 0.13
KL34-04 371.6 374.7 0.67 6700 0.14 1.9 99 30 10 47 1 7 0.3 5.1 49 0.1
KL34-04 374.7 377.7 0.501 5010 0.14 1.4 350 54 8 32 1 8 1.9 3.8 89 0.1
KL34-04 377.7 380.7 0.384 3840 0.06 1.7 172 73 20 50 1 6 2.7 5.3 67 0.01
KL34-04 380.7 383.7 0.57 5700 0.14 2.9 470 2760 25 73 1 8 4.5 7.5 68 0.01
KL34-04 383.7 386.7 0.364 3640 0.11 1.1 349 133 12 281 1 8 2.5 4.9 62 0.01
KL34-04 386.7 389.7 0.58 5800 0.23 2 166 91 5 42 2 9 2 4.5 53 0.01
KL34-04 389.7 392.7 1.18 11800 0.1 4.2 530 330 180 420 1 9 50 7.5 48 0.01
KL34-04 392.7 395.7 0.9 9000 0.16 3.8 480 259 42 64 3 7 11 14.8 40 0.1
KL34-04 395.7 398.4 1.65 16500 0.27 8.9 97 113 21 301 3 10 25 8.0 76 0.21
KL34-04 398.4 401.5 1.37 13700 0.38 6.1 21 86 17 83 42 9 23 8.0 47 0.18
KL34-04 401.5 404.6 1.04 10400 0.84 12.9 22 170 58 36 10 7 35 8.0 60 0.33
KL34-04 404.6 407.7 4.52 45200 3.55 71 42 184 2200 151 9 4 112 6.0 152 1.32
KL34-04 407.7 410.7 0.6 6000 0.37 12 44 650 340 106 10 4 44 5.8 147 0.12
KL34-04 410.7 413.7 0.6 6000 0.21 0.8 73 221 100 177 5 7 5 6.0 113 0.01
KL34-04 413.7 416.7 0.359 3590 0.04 0.7 33 43 10 94 0.01 4 1.2 3.3 224 0.01
KL34-04 416.7 419.7 0.402 4020 0.02 0.6 29 22 8 65 0.01 3 0.9 3.5 193 0.01
KL34-04 419.7 422.9 0.307 3070 0.02 0.6 28 19 3 41 0.01 2 0.2 2.9 145 0.01
KL34-04 422.9 425.7 0.39 3900 0.04 1.1 93 81 43 60 0.01 5 2.8 4.5 113 0.01
KL34-04 425.7 428.7 0.32 3200 0.08 1.1 90 74 25 158 0.01 7 3.2 3.8 155 0.01
KL34-04 428.7 431.7 0.38 3800 0.11 1.6 149 189 51 154 0.01 7 3.1 5.3 143 0.01
KL34-04 431.7 434.7 0.51 5100 0.15 1.7 138 123 140 56 1 6 24 3.5 193 0.01
KL34-04 434.7 437.7 0.98 9800 0.22 2.3 43 50 100 355 0.01 8 22 5.5 110 0.01
KL34-04 437.7 440.7 1.17 11700 0.27 2.3 720 250 54 64 3 4 8.4 3.3 98 0.01
KL34-04 440.7 443.7 0.496 4960 0.04 1.7 130 65 42 44 1 4 46 3.3 117 0.01
KL34-04 443.7 446.7 0.55 5500 0.05 0.1 48 35 20 66 0.01 7 6.3 3.8 99 0.01
KL34-04 446.7 449.7 0.96 9600 0.21 1.7 77 46 38 44 2 6 5.5 6.1 119 0.01
KL34-04 449.7 452.7 0.488 4880 0.05 0.9 197 74 45 52 0.01 4 2.7 4.0 129 0.01
KL34-04 452.7 455.7 0.0107 107 0.01 0.1 61 19 2 2 0.01 15 0.01 0.0 26 0.01
KL34-04 455.7 458.3 0.32 3200 0.11 1.1 1650 530 92 50 1 3 4.6 3.8 190 0.01
KL34-04 458.3 461.4 0.34 3400 0.87 2.2 10400 1530 39 52 2 3 1 3.3 130 0.28
KL34-04 461.4 464.5 0.6 6000 0.16 1.2 90 24 9 22 0.01 7 0.4 3.0 178 0.01
KL34-04 464.5 467.6 0.53 5300 0.11 0.5 84 25 2 49 0.01 5 0.2 3.8 200 0.01
KL34-04 467.6 470.6 0.54 5400 0.19 0.6 39 12 1 21 0.01 6 0.01 3.8 140 0.01



Appendix V - 249 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-04 470.6 473.7 0.84 8400 0.31 0.9 127 27 3 22 1 8 0.01 3.1 282 0.01
KL34-04 473.7 476.7 0.449 4490 0.12 0.8 202 73 4 36 0.01 4 0.4 2.5 159 0.01
KL34-04 476.7 479.7 0.5 5000 0.18 0.7 47 21 3 28 0.01 7 0.3 2.0 118 0.01
KL34-04 479.7 482.7 0.448 4480 0.12 1.5 93 46 4 30 1 6 2.9 3.0 208 0.01
KL34-04 482.7 485.7 0.83 8300 0.2 19.7 600 199 90 52 16 5 146 5.5 124 0.27
KL34-04 485.7 488.7 0.51 5100 0.14 0.8 119 51 14 69 0.01 4 16.8 3.8 226 0.01
KL34-04 488.7 491.7 1.24 12400 0.29 0.1 95 25 440 58 0.01 4 0.5 5.8 276 0.01
KL34-04 491.7 494.7 0.409 4090 0.13 0.1 23 13 36 78 0.01 6 0.2 2.5 167 0.01
KL34-04 494.7 497.7 0.57 5700 0.19 0.7 35 27 6 24 1 9 0.01 3.8 150 0.01
KL34-04 497.7 500.7 0.423 4230 0.19 0.6 840 151 12 38 0.01 5 5.6 3.4 271 0.1
KL34-04 500.7 503.7 0.51 5100 0.1 0.7 22 15 350 114 0.01 10 2 2.8 189 0.01
KL34-04 503.7 506.7 0.68 6800 0.12 0.7 12 8 410 39 0.01 7 3.2 2.8 98 0.01
KL34-04 506.7 508.8 0.55 5500 0.09 0.9 77 86 350 23 1 5 1 7.5 49 0.01
KL34-04 508.8 511.8 0.59 5900 0.1 1.4 60 51 240 33 1 6 2.5 5.5 81 0.01
KL34-04 511.8 514.9 0.63 6300 0.07 1 48 22 370 34 0.01 8 1.2 5.7 106 0.01
KL34-04 514.9 518.7 0.481 4810 0.11 2.7 242 182 23 44 2 8 75 5.0 74 0.01
KL34-04 518.7 521.7 0.57 5700 0.23 1.3 84 36 15 38 1 8 1 6.3 68 0.01
KL34-04 521.7 524.7 0.7 7000 0.07 2.9 370 178 71 27 2 5 6 7.7 63 0.1
KL34-04 524.7 527.7 0.78 7800 0.11 3.4 304 155 120 42 2 5 11.8 5.5 42 0.01
KL34-04 527.7 530.7 1.78 17800 0.25 15.1 5900 1100 260 31 11 5 50 7.3 43 0.48
KL34-04 530.7 533.7 0.72 7200 0.14 3.8 148 166 1060 63 1 4 17.4 7.0 57 0.1
KL34-04 533.7 536.7 0.98 9800 0.15 2.1 145 78 2040 110 1 5 8.9 6.2 82 0.1
KL34-04 536.7 539.7 0.78 7800 0.28 2.4 184 65 1340 48 1 6 4.7 5.8 46 0.01
KL34-04 539.7 542.7 0.407 4070 0.39 1.3 100 54 18 42 1 7 0.4 3.3 53 0.01
KL34-04 542.7 545.7 0.369 3690 0.1 1.2 74 29 18 36 1 4 0.2 3.3 50 0.01
KL34-04 545.7 548.7 0.509 5090 0.19 1.3 73 30 13 31 1 6 0.01 4.0 49 0.01
KL34-04 548.7 551.7 0.52 5200 0.19 2 72 24 16 25 1 7 0.2 6.0 53 0.01
KL34-04 551.7 554.7 0.498 4980 0.14 1.5 194 122 50 29 1 6 5.4 5.2 103 0.01
KL34-04 554.7 557.7 0.473 4730 0.16 2.2 150 69 8 34 1 7 0.5 3.2 58 0.01
KL34-04 557.7 560.7 0.66 6600 0.18 3.6 273 112 20 44 2 5 3.4 4.7 68 0.01
KL34-04 560.7 563.7 0.57 5700 0.16 5.3 410 430 37 36 2 8 205 6.8 47 0.01
KL34-04 563.7 566.7 0.354 3540 0.09 2.6 61 35 5 20 1 6 3.5 3.5 98 0.01
KL34-04 566.7 569.5 0.384 3840 0.08 1.8 73 28 9 38 1 7 9.6 4.0 90 0.01
KL34-04 569.5 572.7 0.379 3790 0.06 1.2 95 82 28 34 1 6 5.8 4.0 151 0.01
KL34-04 572.7 575.7 0.21 2100 0.04 0.6 74 51 12 14 0.01 3 3.7 2.5 90 0.01
KL34-04 575.7 578.7 0.314 3140 0.05 0.8 73 44 14 23 0.01 6 3.9 3.2 191 0.01
KL34-04 578.7 581.7 0.28 2800 0.07 0.8 138 72 38 48 1 5 0.5 2.8 106 0.01
KL34-04 581.7 584.7 0.25 2500 0.07 1.4 183 105 210 97 5 4 6.5 4.9 136 0.01
KL34-04 584.7 587.7 0.291 2910 0.03 0.7 57 27 15 30 1 5 0.3 3.5 88 0.01
KL34-04 587.7 590.7 0.27 2700 0.02 0.8 203 95 27 34 1 6 1.1 4.1 126 0.01
KL34-04 590.7 593.7 0.285 2850 0.07 1.7 103 83 20 45 2 6 12.1 3.8 84 0.01
KL34-04 593.7 596.7 0.22 2200 0.04 0.6 117 75 12 54 0.01 3 3.1 2.7 63 0.01
KL34-04 596.7 599.7 0.21 2100 0.03 0.5 45 21 13 33 1 2 0.3 2.8 81 0.01
KL34-04 599.7 602.7 0.23 2300 0.02 0.5 31 13 4 52 0.01 3 0.01 3.0 140 0.01
KL34-04 602.7 605.7 0.331 3310 0.03 1 86 55 28 28 1 4 1.9 3.3 86 0.01
KL34-04 605.7 608.7 0.26 2600 0.03 0.9 93 89 14 30 1 5 1.6 2.8 136 0.01
KL34-04 608.7 611.7 0.23 2300 0.03 0.6 74 33 10 37 0.01 4 0.6 2.8 92 0.01
KL34-04 611.7 614.7 0.21 2100 0.08 1 75 42 24 76 0.01 3 1.9 2.5 179 0.01
KL34-04 614.7 617.7 0.21 2100 0.07 1 259 131 15 57 1 4 2.5 3.2 133 0.01
KL34-04 617.7 620.7 0.383 3830 0.05 3.6 100 116 240 91 6 5 32 3.8 65 0.01
KL34-04 620.7 623.7 0.2 2000 0.03 1.4 65 108 160 88 2 4 7.8 4.0 72 0.01
KL34-04 623.7 626.7 0.427 4270 0.13 2.6 244 287 1320 118 3 5 21.5 3.5 61 0.01
KL34-04 626.7 629.7 0.19 1900 0.01 0.5 169 168 81 116 0.01 4 1 3.0 116 0.01
KL34-04 629.7 632.7 0.23 2300 0.02 0.8 170 130 370 52 1 4 7.1 3.3 174 0.01
KL34-04 632.7 635.7 0.196 1960 0.02 0.1 18 11 30 103 0.01 4 0.5 1.6 183 0.01
KL34-04 635.7 638.7 0.187 1870 0.02 0.1 23 16 7 81 0.01 4 1.4 2.0 135 0.01
KL34-04 638.7 641.7 0.16 1600 0.03 0.1 18 9 13 30 0.01 3 0.01 2.2 140 0.01
KL34-04 641.7 644.7 0.23 2300 0.03 0.1 16 18 4 71 0.01 4 0.01 2.9 155 0.01
KL34-04 644.7 647.7 0.2 2000 0.02 0.1 15 7 1 91 0.01 3 0.01 2.2 105 0.01
KL34-04 647.7 650.7 0.147 1470 0.01 0.1 38 30 5 40 10 3 0.4 2.2 61 0.01
KL34-04 650.7 653.7 0.16 1600 0.01 0.1 24 15 5 76 0.01 3 1 2.0 60 0.01
KL34-04 653.7 656.7 0.162 1620 0.01 0.1 47 25 4 86 0.01 2 0.9 1.5 78 0.01
KL34-04 656.7 659.7 0.195 1950 0.01 0.5 79 127 4 1100 0.01 2 0.6 3.2 58 0.01



Appendix V - 250 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-04 659.7 662.7 0.171 1710 0.01 0.1 43 23 6 39 0.01 5 0.8 2.0 60 0.01
KL34-04 662.7 665.7 0.192 1920 0.01 0.8 29 18 12 35 0.01 4 1 2.1 57 0.01
KL34-04 665.7 668.7 0.114 1140 0.01 0.1 75 43 15 55 0.01 3 0.5 0.5 145 0.01
KL34-04 668.7 671.7 0.128 1280 0.01 0.8 73 163 18 160 0.01 3 0.5 1.2 205 0.01
KL34-04 671.7 674.7 0.118 1180 0.01 0.1 44 38 170 53 0.01 2 4.5 1.2 117 0.01
KL34-04 674.7 677.7 0.132 1320 0.01 0.9 58 107 310 37 2 3 3 1.0 193 0.01
KL34-04 677.7 680.7 0.142 1420 0.03 1.1 196 162 140 45 9 3 2.4 1.3 187 0.01
KL34-04 680.7 683.7 0.153 1530 0.01 2.3 109 126 6 75 1 4 3 0.7 147 0.01
KL34-04 683.7 686.7 0.2 2000 0.02 1.9 70 53 3 44 0.01 4 0.5 2.0 204 0.01
KL34-04 686.7 689.7 0.168 1680 0.02 0.8 39 28 5 48 0.01 4 1.2 2.0 230 0.01
KL34-04 689.7 692.7 0.23 2300 0.09 0.8 11 8 1 89 0.01 2 0.2 2.5 140 0.01
KL34-04 692.7 695.7 0.207 2070 0.06 1.6 24 21 2 65 0.01 4 0.2 2.2 171 0.01
KL34-04 695.7 698.7 0.21 2100 0.04 0.5 112 56 4 28 0.01 5 0.01 1.8 173 0.01
KL34-04 698.7 701.7 0.19 1900 0.01 0.9 89 50 4 83 1 5 1.5 2.8 230 0.01
KL34-04 701.7 704.7 0.21 2100 0.03 1.1 73 37 3 72 0.01 7 0.2 1.8 140 0.01
KL34-04 704.7 707.7 0.285 2850 0.04 0.8 78 60 130 81 0.01 8 2.7 3.2 231 0.01
KL34-04 707.7 710.7 0.193 1930 0.01 0.7 41 51 3 49 0.01 5 0.01 3.3 127 0.01
KL34-04 710.7 714.6 0.197 1970 0.01 0.8 27 20 11 57 0.01 6 0.2 2.2 172 0.01
KL34-04 714.6 719.7 0.2 2000 0.02 0.5 24 15 2 58 1 5 0.01 2.2 112 0.01
KL34-04 719.7 722.7 0.23 2300 0.07 4.1 88 96 390 79 6 5 4.4 7.5 180 0.21
KL34-04 722.7 725.7 0.2 2000 0.03 1.3 75 83 27 34 0.01 6 0.5 3.0 132 0.01
KL34-04 725.7 728.7 0.249 2490 0.06 1.3 60 53 15 27 1 6 0.8 3.2 114 0.01
KL34-04 728.7 731.7 0.195 1950 0.05 1.3 44 37 26 17 2 6 0.4 2.5 161 0.01
KL34-04 731.7 734.7 0.188 1880 0.03 1.5 111 36 110 27 18 4 3.9 2.0 104 0.01
KL34-05 0 5.2 0.0033 33 0.04 1 350 127 13 1 0.01 1 0.8 1.8 16 0.01
KL34-05 5.2 8.7 0.0085 85 0.02 0.8 314 129 11 3 0.01 1 1 1.8 22 0.01
KL34-05 8.7 11 0.0039 39 0.02 1.2 730 205 23 3 0.01 1 1.3 1.5 21 0.01
KL34-05 11 14.1 0.0035 35 0.02 1.3 398 125 19 3 0.01 1 0.8 1.8 20 0.01
KL34-05 14.1 17.2 0.005 50 0.02 1.1 910 290 17 3 0.01 1 1.1 2.0 25 0.01
KL34-05 17.2 20.7 0.0064 64 0.02 1.6 1410 386 23 2 0.01 1 1.3 1.5 23 0.01
KL34-05 20.7 23.7 0.0025 25 0.03 1.2 710 660 21 3 0.01 1 1.3 3.3 20 0.01
KL34-05 23.7 26.7 0.003 30 0.05 1.3 920 430 16 2 0.01 1 1.3 2.8 21 0.01
KL34-05 26.7 29.7 0.0182 182 0.01 10.9 5100 7600 41 13 8 1 5.1 32.4 24 0.01
KL34-05 29.7 32.7 0.0031 31 0.02 1.7 590 880 13 3 1 1 1.4 4.8 23 0.01
KL34-05 32.7 35.7 0.0112 112 0.04 0.9 409 310 28 12 1 2 1.3 4.0 43 0.01
KL34-05 35.7 38.7 0.0221 221 0.04 12.5 6500 9700 58 13 11 2 7.3 36.2 27 0.01
KL34-05 38.7 41.3 0.0029 29 0.03 1 560 820 18 3 0.01 1 1.4 2.5 25 0.01
KL34-05 41.3 43.5 0.0084 84 0.09 3.2 2400 2410 30 5 1 1 5.3 6.0 19 0.01
KL34-05 43.5 46.5 0.0037 37 0.04 1.2 640 780 22 3 1 1 2 2.3 26 0.01
KL34-05 46.5 50.7 0.0025 25 0.05 0.5 540 249 23 2 0.01 1 1 2.5 21 0.01
KL34-05 50.7 53.7 0.0262 262 0.04 0.7 930 327 38 15 3 2 2.7 2.5 77 0.01
KL34-05 53.7 56.7 0.0038 38 0.01 0.7 358 235 18 8 2 1 1.1 2.3 36 0.01
KL34-05 56.7 59.7 0.011 110 0.03 2.5 1080 840 24 4 0.01 1 3.5 2.3 50 0.01
KL34-05 59.7 62.7 0.0224 224 0.03 1.8 1130 590 44 9 2 2 3.6 3.5 74 0.01
KL34-05 62.7 65.7 0.0091 91 0.04 0.1 352 160 25 15 1 2 1.5 2.5 39 0.01
KL34-05 65.7 68.7 0.0155 155 0.02 1.1 310 148 17 4 1 2 1.2 2.8 25 0.01
KL34-05 68.7 71.7 0.0046 46 0.11 2.3 2590 1520 19 3 3 1 5.8 6.5 19 0.16
KL34-05 71.7 74.6 0.012 120 0.78 6.7 6600 2140 84 3 14 1 15.8 17.1 26 0.45
KL34-05 74.6 77.7 0.0372 372 0.11 3.3 290 1170 130 6 6 1 28 4.3 102 0.1
KL34-05 77.7 80.7 0.09 900 0.58 14.7 1570 940 280 7 62 2 18.1 14.6 136 0.28
KL34-05 80.7 84.7 0.041 410 0.11 3.3 1650 750 91 7 7 1 13 4.5 53 0.16
KL34-05 84.7 86.3 0.0163 163 0.12 4.5 660 2350 31 7 8 1 3.8 3.3 28 0.01
KL34-05 86.3 90.1 0.014 140 0.15 7.1 1210 1460 40 5 12 1 3.7 7.0 164 0.01
KL34-05 90.1 93.1 0.121 1210 0.18 51 3700 19600 310 14 67 1 40 15.8 44 0.26
KL34-05 93.1 96.8 0.12 1200 0.39 31.3 3700 7500 420 12 35 1 26 14.0 159 0.14
KL34-05 96.8 98.7 0.168 1680 0.42 56 11400 9700 550 16 111 3 32 14.6 165 0.45
KL34-05 98.7 101.1 0.175 1750 0.4 19.8 4910 3190 550 25 60 2 23 7.8 107 0.32
KL34-05 101.1 103.7 0.155 1550 0.23 13.6 2360 2440 500 96 48 1 17.7 11.5 102 0.18
KL34-05 103.7 107.7 0.191 1910 0.38 13.3 3960 2510 510 209 28 1 30 11.0 105 0.37
KL34-05 107.7 110.7 0.0112 112 0.28 3.2 2670 790 58 8 5 1 6.4 4.8 30 0.18
KL34-05 110.7 113.9 0.0076 76 0.13 3.8 2060 1820 34 9 9 1 4.2 7.8 25 0.01
KL34-05 113.9 116 0.0089 89 0.15 3.9 2700 2600 29 10 5 1 3.9 10.0 20 0.13
KL34-05 116 118.4 0.0084 84 0.07 3.7 1730 1390 21 7 8 1 4.4 6.3 21 0.1



Appendix V - 251 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-05 118.4 122 0.0075 75 0.15 3.2 1900 910 26 10 9 1 6.8 7.6 26 0.1
KL34-05 122 125 0.0045 45 0.15 4.8 2030 1340 43 9 13 1 3.9 7.8 25 0.01
KL34-05 125 128.7 0.0061 61 0.15 8.4 4160 3690 33 13 18 1 5.5 10.5 26 0.01
KL34-05 128.7 130.9 0.0041 41 0.08 5.5 780 960 23 13 10 1 6.8 5.3 31 0.01
KL34-05 130.9 133.7 0.0035 35 0.09 2.3 670 303 25 11 6 1 3.2 2.5 28 0.01
KL34-05 133.7 137.7 0.0086 86 0.08 8.7 2950 3020 24 17 13 2 3.7 9.3 28 0.01
KL34-05 137.7 140.7 0.0132 132 0.11 29 4200 6900 41 23 50 1 11.8 18.2 29 0.01
KL34-05 140.7 143.3 0.0107 107 0.1 21.7 2920 5900 32 25 39 1 13 13.0 30 0.01
KL34-05 143.3 146.7 0.0246 246 0.09 15 8400 5200 40 22 30 1 7.3 12.8 21 0.01
KL34-05 146.7 149.7 0.004 40 0.06 3.3 2960 2710 25 21 1 1 4.1 3.5 21 0.01
KL34-05 149.7 152.4 0.0039 39 0.06 3.1 1050 1070 12 17 5 1 1.6 3.7 16 0.01
KL34-05 152.4 155.5 0.0092 92 0.1 10.3 2910 3840 26 39 18 1 5.3 7.3 19 0.01
KL34-05 155.5 158.6 0.0174 174 0.11 11.5 3450 3130 34 37 14 1 4.1 8.8 19 0.01
KL34-05 158.6 161.7 0.0065 65 0.07 6.6 1950 3060 18 39 12 1 5.1 4.8 20 0.01
KL34-05 161.7 164.7 0.0338 338 0.11 6 2610 2540 30 37 14 1 2 13.6 22 0.01
KL34-05 164.7 168.9 0.0107 107 0.05 4.1 1750 2050 28 36 4 1 2.5 6.3 19 0.01
KL34-05 168.9 173.3 0.007 70 0.05 5.4 2690 2670 28 34 2 1 4.6 4.5 20 0.01
KL34-05 173.3 176.7 0.0043 43 0.07 5.2 1060 700 22 21 7 1 4.3 3.8 22 0.01
KL34-05 176.7 179.4 0.0208 208 0.1 13.5 6700 9300 75 77 10 1 13.7 11.3 20 0.01
KL34-05 179.4 182.7 0.051 510 0.16 14.7 12400 6600 160 131 9 1 14 13.0 18 0.1
KL34-05 182.7 185.7 0.098 980 0.19 30.3 28800 16800 280 280 18 1 28 23.9 17 0.15
KL34-05 185.7 188.7 0.022 220 0.13 15 8800 6600 72 72 9 1 14.5 16.8 17 0.1
KL34-05 188.7 191.7 0.0193 193 0.08 12.8 5500 10600 61 87 4 1 15.6 9.0 28 0.01
KL34-05 191.7 194.7 0.0067 67 0.07 5.8 6200 3470 43 34 4 1 7.3 7.0 24 0.01
KL34-05 194.7 197.7 0.0116 116 0.21 5.9 3230 2090 53 26 4 1 8.3 7.6 21 0.01
KL34-05 197.7 200.7 0.0086 86 0.09 7.6 5900 2910 41 16 2 1 11 5.3 18 0.01
KL34-05 200.7 203.7 0.0103 103 0.19 4.8 3270 2600 45 28 4 1 5.4 8.3 18 0.01
KL34-05 203.7 206 0.084 840 0.14 34.5 32300 18600 230 210 17 4 34 18.6 18 0.01
KL34-05 206 209 0.067 670 0.64 33.2 27300 28700 220 71 11 1 48 30.9 17 0.4
KL34-05 209 212 0.053 530 0.17 6.4 3860 1840 40 36 19 3 3.8 7.0 24 0.01
KL34-05 212 215.7 0.195 1950 0.22 8.5 1980 2450 39 58 16 4 2.8 19.0 20 0.01
KL34-05 215.7 218.7 0.0475 475 0.14 6.9 6500 3520 42 36 8 1 7.5 8.0 30 0.01
KL34-05 218.7 221.7 0.073 730 0.15 5.5 1170 1170 30 44 10 1 3.3 10.0 21 0.01
KL34-05 221.7 224.6 0.77 7700 0.74 13.4 161 250 31 32 18 40 6.4 30.8 40 0.01
KL34-05 224.6 227.7 0.78 7800 0.8 21.4 700 149 36 187 57 31 7.1 33.2 45 0.01
KL34-05 227.7 230.7 0.401 4010 0.48 4.8 221 134 35 1750 38 21 2.2 52.0 86 0.01
KL34-05 230.7 233.7 0.447 4470 0.64 16.7 400 358 52 1020 197 20 3.3 61.0 68 0.01
KL34-05 233.7 236.7 0.153 1530 0.66 5.9 5750 890 110 980 35 15 17.1 24.2 116 0.41
KL34-05 236.7 239.7 1.24 12400 1.25 19.8 1540 350 63 180 15 52 6 19.0 54 0.1
KL34-05 239.7 242.7 1.37 13700 0.96 30.7 366 118 24 25 45 38 4 15.4 34 0.01
KL34-05 242.7 245.7 0.54 5400 0.52 12.9 5300 249 44 58 22 56 3.2 13.3 85 0.01
KL34-05 245.7 248.5 0.62 6200 0.44 13.1 4760 149 37 72 20 17 3.8 17.8 43 0.01
KL34-05 248.5 251.7 0.8 8000 0.63 21.3 6300 140 25 22 13 9 4.4 8.5 27 0.01
KL34-05 251.7 254.7 0.175 1750 0.32 7 1520 110 54 106 25 11 7.9 7.3 41 0.01
KL34-05 254.7 260.4 0.71 7100 0.63 19.9 3280 263 71 56 10 30 5.2 9.0 43 0.01
KL34-05 260.4 263.7 0.455 4550 0.35 12.6 6650 2530 90 179 26 33 5.6 9.7 36 0.01
KL34-05 263.7 266.7 1.01 10100 2.19 15 930 368 50 105 70 47 3.1 15.2 38 0.01
KL34-05 266.7 269.7 0.88 8800 1.29 23.4 1220 500 54 184 182 12 3 8.0 28 0.01
KL34-05 269.7 272.8 0.82 8200 2.44 10 440 291 30 170 32 22 3.3 13.0 53 0.01
KL34-05 272.8 274.9 2.99 29900 2.48 31 3400 580 87 86 74 22 14 11.5 92 0.15
KL34-05 274.9 277.8 1.61 16100 2.06 29.2 5900 1900 510 75 27 47 285 18.9 58 0.37
KL34-05 277.8 280.8 0.98 9800 1.74 14.8 1640 500 200 3 30 48 6.8 10.3 61 0.11
KL34-05 280.8 284.7 1.14 11400 2.12 13 4300 236 37 17 54 31 6.7 11.3 90 0.01
KL34-05 284.7 287.7 0.68 6800 2.16 18.5 4400 8100 39 6 53 15 3.6 25.3 48 0.18
KL34-05 287.7 290.7 0.99 9900 2.14 125 5000 2700 490 5 54 32 39 13.0 45 0.44
KL34-05 290.7 293.7 1.86 18600 3.04 5.1 302 240 45 7 18 28 1.5 11.8 86 0.01
KL34-05 293.7 296.7 1.74 17400 1.88 2.9 145 82 36 1 9 72 5.2 19.5 49 0.01
KL34-05 296.7 299.7 2.28 22800 4 8.1 286 306 710 35 8 73 6 38.0 95 0.25
KL34-05 299.7 302.7 2.89 28900 2.32 9.3 180 205 370 15 20 18 3.1 56.0 54 0.23
KL34-05 302.7 305.7 1.96 19600 2.44 5.3 395 610 130 1 8 41 2.4 26.5 74 0.19
KL34-05 305.7 308.5 2.08 20800 2.7 9.5 690 389 500 1 8 34 2.7 24.5 65 0.26
KL34-05 308.5 311.5 2.64 26400 3.72 14.1 1590 840 620 10 14 48 2.6 49.0 68 0.29
KL34-05 311.5 314.7 1.36 13600 1.22 10 1060 640 510 1020 149 72 5.6 65.0 54 0.18



Appendix V - 252 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-05 314.7 317.7 1.21 12100 0.43 3.5 2700 319 160 251 12 45 1 42.5 90 0.2
KL34-05 317.7 320.7 0.7 7000 0.21 2.2 3940 900 620 357 3 30 3.2 19.0 154 0.65
KL34-05 320.7 323.7 1.5 15000 0.41 4.3 3000 820 590 159 7 34 2.2 16.8 108 0.72
KL34-05 323.7 326.7 0.84 8400 0.23 2.7 5100 3060 570 251 3 25 2.7 17.5 134 0.99
KL34-05 326.7 329.7 0.68 6800 0.33 2.1 265 88 39 302 0.01 45 0.5 13.5 61 0.15
KL34-05 329.7 332.7 1.22 12200 0.2 2.7 391 150 98 242 1 67 0.5 14.3 100 0.2
KL34-05 332.7 335.7 0.478 4780 0.27 1.1 192 50 63 186 0.01 31 0.2 11.0 88 0.01
KL34-05 335.7 338.7 0.39 3900 0.23 1.4 910 1330 39 317 0.01 18 0.3 11.0 82 0.28
KL34-05 338.7 341.7 1.51 15100 0.52 2.8 175 40 6 145 0.01 36 0.01 11.5 63 0.01
KL34-05 341.7 344.7 1.34 13400 0.53 2.9 360 54 36 487 0.01 29 0.3 12.8 77 0.01
KL34-05 344.7 347.7 1.24 12400 0.21 2.4 54 21 23 630 0.01 28 0.01 11.0 50 0.01
KL34-05 347.7 350.7 0.93 9300 0.28 2.8 43 30 15 496 1 44 0.01 12.3 48 0.01
KL34-05 350.7 353.7 0.86 8600 0.27 1.4 62 31 11 490 0.01 20 0.01 10.2 72 0.01
KL34-05 353.7 356.7 1.73 17300 0.31 2.7 171 60 72 281 3 54 5.3 13.5 48 0.01
KL34-05 356.7 359.7 1.22 12200 0.14 2.5 107 59 6 520 0.01 28 0.01 12.5 39 0.01
KL34-05 359.7 362.7 0.63 6300 0.19 1.3 154 38 19 251 3 14 1.5 9.0 55 0.01
KL34-05 362.7 365.7 0.99 9900 0.36 2.3 710 197 120 321 8 17 12.5 10.3 43 0.28
KL34-05 365.7 368.7 1.03 10300 0.3 1.6 151 149 37 390 1 32 0.01 8.5 45 0.1
KL34-05 368.7 371.7 1.25 12500 0.42 1.8 67 28 24 270 0.01 17 0.01 8.5 70 0.01
KL34-05 371.7 374.7 1.51 15100 0.37 2.1 62 15 5 550 1 19 0.01 8.0 61 0.01
KL34-05 374.7 377.7 2.17 21700 0.66 2.8 28 6 5 670 1 18 0.01 9.0 77 0.01
KL34-05 377.7 380.7 2.77 27700 0.97 2.2 46 8 29 530 1 19 0.01 15.0 81 0.01
KL34-05 380.7 383.7 1.68 16800 0.61 2.3 41 15 4 660 1 16 0.01 11.0 57 0.01
KL34-05 383.7 386.7 1.67 16700 0.53 2.7 261 60 30 640 0.01 15 0.01 9.5 70 0.01
KL34-05 386.7 390.1 2.03 20300 0.69 3.8 127 139 1310 850 3 19 22 7.5 56 0.55
KL34-05 390.1 394.6 3.04 30400 1.36 3.9 241 67 130 1180 1 20 4.7 14.0 89 0.26
KL34-05 394.6 396.7 6.93 69300 2.05 5.4 135 20 8 710 1 31 0.01 18.8 104 0.01
KL34-05 396.7 400 3.4 34000 1.21 3.7 100 8 3 1540 0.01 33 0.01 10.0 107 0.01
KL34-05 400 402.7 1.65 16500 0.36 2.4 63 7 8 940 0.01 12 0.01 7.5 130 0.01
KL34-05 402.7 404.7 0.88 8800 0.26 1.6 25 5 2 460 0.01 6 0.4 4.8 152 0.01
KL34-05 404.7 407.7 1.17 11700 0.25 2.1 67 30 16 680 0.01 7 0.6 5.8 185 0.01
KL34-05 407.7 410.7 0.87 8700 0.21 1.9 40 13 16 470 0.01 10 0.4 6.3 163 0.01
KL34-05 410.7 413.5 0.44 4400 0.15 1.1 26 8 3 280 0.01 12 0.01 6.3 166 0.01
KL34-05 413.5 416.6 0.46 4600 0.14 1.2 169 50 11 229 0.01 18 0.2 9.1 141 0.01
KL34-05 416.6 419.7 0.94 9400 0.33 2.1 338 135 61 284 1 17 14.5 8.8 167 0.01
KL34-05 419.7 422.7 1.2 12000 0.33 1.6 135 40 48 171 1 8 0.9 11.5 149 0.01
KL34-05 422.7 425.7 0.31 3100 0.08 0.8 20 7 3 237 0.01 9 0.01 6.8 171 0.01
KL34-05 425.7 428.7 0.32 3200 0.1 0.8 18 5 2 295 0.01 10 0.01 9.6 153 0.01
KL34-05 428.7 431.7 0.47 4700 0.17 1.2 170 138 82 297 0.01 20 5.4 11.8 117 0.01
KL34-05 431.7 434.7 0.49 4900 0.18 0.8 135 37 19 1330 0.01 10 0.01 7.5 130 0.01
KL34-05 434.7 437.7 0.7 7000 0.23 0.9 199 39 15 159 1 12 0.5 11.0 99 0.01
KL34-05 437.7 440.7 0.61 6100 0.15 1.6 410 362 310 660 1 4 0.5 9.0 108 0.01
KL34-05 440.7 443.7 0.45 4500 0.1 0.1 22 11 3 333 0.01 8 0.01 5.5 152 0.01
KL34-05 443.7 445.9 0.42 4200 0.1 0.8 96 112 550 261 0.01 2 0.6 7.0 132 0.01
KL34-05 445.9 448.7 0.33 3300 0.11 1.1 124 52 700 264 0.01 8 1 6.3 145 0.01
KL34-05 448.7 451.7 0.65 6500 0.1 2.6 150 43 12 259 1 7 0.5 7.3 181 0.01
KL34-05 451.7 454.7 1.04 10400 0.13 3.9 93 42 33 560 2 16 0.01 12.0 169 0.01
KL34-05 454.7 457.8 1.31 13100 0.25 4 430 470 140 329 2 15 4.5 12.5 156 0.15
KL34-05 457.8 461.1 1.04 10400 0.15 2.8 47 26 22 560 2 14 0.6 11.5 163 0.01
KL34-05 461.1 464.2 1.09 10900 0.68 3.7 880 112 15 415 2 35 0.2 14.0 157 0.01
KL34-05 464.2 468.1 1.72 17200 0.68 6.9 193 54 7 670 2 42 0.01 30.3 192 0.01
KL34-05 468.1 470.3 1.07 10700 0.6 3.7 98 12 1 32 1 41 0.01 34.0 87 0.01
KL34-05 470.3 473.4 1.44 14400 0.64 3.2 123 11 1 44 0.01 48 0.01 17.0 36 0.01
KL34-05 473.4 476.5 1.06 10600 0.47 2.2 81 12 0.01 27 0.01 39 0.01 10.5 27 0.01
KL34-05 476.5 479.6 0.54 5400 0.21 1.4 67 7 0.01 19 1 29 0.01 12.8 21 0.01
KL34-05 479.6 482.6 0.97 9700 0.41 7.6 99 181 1 24 14 19 0.01 28.0 27 0.01
KL34-05 482.6 485.7 0.61 6100 0.28 2.5 84 13 5 42 2 57 0.01 18.5 21 0.01
KL34-05 485.7 488.7 0.53 5300 0.26 1.3 76 13 2 11 1 37 0.01 9.5 29 0.01
KL34-05 488.7 491.7 1.76 17600 0.62 2.8 71 19 2 30 1 40 0.3 20.5 31 0.01
KL34-05 491.7 494.7 2.05 20500 0.92 4.2 91 22 3 7 2 47 0.5 12.0 27 0.01
KL34-05 494.7 497.7 1.54 15400 0.65 2.5 88 16 4 5 1 38 0.5 12.5 26 0.01
KL34-05 497.7 500.7 0.82 8200 0.41 1.4 64 17 3 26 0.01 29 0.01 9.8 23 0.01
KL34-05 500.7 503.7 0.86 8600 0.43 2.3 82 40 1 16 3 36 0.01 9.5 30 0.01



Appendix V - 253 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-05 503.7 506.7 1.6 16000 0.8 2.1 134 12 1 8 0.01 38 0.2 15.5 23 0.01
KL34-05 506.7 509.7 0.73 7300 0.37 1.6 78 14 2 4 0.01 32 0.4 7.3 23 0.01
KL34-05 509.7 512.7 1.17 11700 0.66 1.8 111 11 2 3 0.01 44 0.01 9.5 29 0.01
KL34-05 512.7 515.7 0.9 9000 0.5 1.8 89 12 2 3 0.01 34 0.4 9.5 24 0.01
KL34-05 515.7 518.7 0.51 5100 0.25 1.1 42 16 15 63 0.01 14 0.6 11.3 28 0.01
KL34-05 518.7 521.7 0.64 6400 0.22 2.1 46 15 0.01 45 0.01 11 0.01 7.3 34 0.01
KL34-05 521.7 524.7 0.66 6600 0.21 2.6 55 17 5 24 1 16 0.2 16.8 95 0.01
KL34-05 524.7 527.7 0.84 8400 0.11 1.8 43 30 12 28 2 50 0.4 19.0 107 0.01
KL34-05 527.7 530.7 0.254 2540 0.04 0.9 29 12 4 175 0.01 9 0.01 6.3 131 0.01
KL34-05 530.7 533.7 0.281 2810 0.1 1.5 78 22 2 18 0.01 12 0.3 5.0 80 0.01
KL34-05 533.7 536.7 0.259 2590 0.09 1.1 43 8 2 57 0.01 9 0.3 6.5 72 0.01
KL34-05 536.7 539.3 0.425 4250 0.1 1.5 49 9 3 43 0.01 9 0.01 4.0 78 0.01
KL34-05 539.3 542.4 0.307 3070 0.11 1.2 50 11 3 117 0.01 11 0.4 6.3 65 0.01
KL34-05 542.4 545.4 0.267 2670 0.11 1.1 61 10 3 36 0.01 12 0.01 5.5 50 0.01
KL34-05 545.4 548.4 0.2 2000 0.18 0.7 42 9 2 18 0.01 10 0.2 5.0 39 0.01
KL34-05 548.4 551.5 0.255 2550 0.16 1.1 50 11 6 10 0.01 7 0.01 3.3 30 0.01
KL34-05 551.5 554.6 0.23 2300 0.12 1.2 92 15 3 19 0.01 10 0.2 3.0 39 0.01
KL34-05 554.6 557.7 0.359 3590 0.28 1 81 12 2 7 0.01 13 0.3 5.8 41 0.01
KL34-05 557.7 560.7 0.29 2900 0.09 1.6 50 8 5 28 0.01 7 0.2 3.8 72 0.01
KL34-05 560.7 563.7 0.27 2700 0.12 1.3 59 10 2 56 2 6 0.3 4.5 52 0.01
KL34-05 563.7 566.7 0.339 3390 0.21 1.4 91 7 2 21 0.01 10 0.4 3.8 46 0.01
KL34-05 566.7 569.7 0.19 1900 0.06 1.3 277 264 150 50 1 9 68 7.8 131 0.22
KL34-05 569.7 572.5 0.24 2400 0.06 1.7 265 125 370 25 1 10 112 9.5 133 0.38
KL34-05 572.5 574.7 0.3 3000 0.04 2.8 295 190 290 149 1 6 185 6.8 184 0.27
KL34-05 574.7 577 0.47 4700 0.14 1.9 52 15 6 92 0.01 35 0.01 9.8 110 0.01
KL34-05 577 579.9 0.18 1800 0.07 0.8 43 18 3 42 0.01 8 0.01 3.0 69 0.01
KL34-05 579.9 584.7 0.172 1720 0.05 1 112 58 15 74 1 5 0.6 3.5 169 0.01
KL34-05 584.7 587.7 0.24 2400 0.05 1.8 63 42 37 84 5 7 1.2 4.5 125 0.01
KL34-05 587.7 590.7 0.38 3800 0.12 2.2 65 28 21 109 2 11 1.7 6.8 224 0.11
KL34-05 590.7 593.7 0.45 4500 0.05 2.1 36 15 260 390 3 39 5.4 12.8 309 0.23
KL34-05 593.7 596.7 0.34 3400 0.1 1.9 43 27 29 518 1 12 1.1 6.5 207 0.01
KL34-05 596.7 599.7 0.28 2800 0.16 1.7 50 21 8 285 2 6 0.2 5.5 191 0.01
KL34-05 599.7 602.7 0.45 4500 0.17 2.8 150 41 150 192 2 13 4.6 5.0 196 0.18
KL34-05 602.7 605.7 0.46 4600 0.22 2.8 148 103 14 58 0.01 14 0.7 6.8 141 0.01
KL34-05 605.7 608.7 0.41 4100 0.06 2.4 408 217 3 71 0.01 7 0.01 3.8 118 0.01
KL34-05 608.7 611.7 0.39 3900 0.08 1.9 62 42 0.01 43 0.01 5 0.01 3.8 64 0.01
KL34-05 611.7 614.7 0.15 1500 0.05 0.8 26 13 2 20 0.01 2 0.01 1.3 13 0.01
KL34-05 614.7 616.9 0.32 3200 0.11 1.5 55 6 0.01 108 0.01 3 0.01 2.3 35 0.01
KL34-05 616.9 619.9 0.33 3300 0.04 1.6 160 47 2 51 1 6 0.01 3.3 54 0.01
KL34-05 619.9 623 0.52 5200 0.08 1.7 44 16 1 69 2 7 0.01 7.2 57 0.01
KL34-05 623 626.1 0.24 2400 0.07 0.9 71 43 1 40 0.01 7 0.01 2.3 22 0.01
KL34-05 626.1 629.2 0.26 2600 0.1 1 87 95 3 26 0.01 9 0.01 5.0 34 0.01
KL34-05 629.2 632.3 0.64 6400 0.3 1.8 72 13 2 18 0.01 41 0.01 13.4 48 0.01
KL34-05 632.3 635.4 0.66 6600 0.18 2.1 99 17 1 59 0.01 24 0.01 10.1 32 0.01
KL34-05 635.4 638.5 0.064 640 0.02 0.1 43 11 3 9 0.01 15 0.01 1.5 21 0.01
KL34-05 638.5 641.6 0.17 1700 0.05 0.1 27 6 1 7 0.01 12 0.01 3.5 26 0.01
KL34-05 641.6 644.6 0.097 970 0.02 0.1 60 10 3 115 0.01 17 0.01 3.8 57 0.01
KL34-05 644.6 647.7 0.146 1460 0.13 0.7 67 8 1 192 0.01 43 0.01 4.8 41 0.01
KL34-05 647.7 650.7 0.11 1100 0.03 0.1 57 9 2 5 0.01 18 0.01 1.3 43 0.01
KL34-05 650.7 653.7 0.2 2000 0.12 0.8 53 13 2 470 0.01 40 0.01 12.8 60 0.01
KL34-05 653.7 656.7 0.167 1670 0.05 0.7 47 11 3 42 0.01 13 0.01 3.0 32 0.01
KL34-05 656.7 659.7 0.61 6100 0.19 2.1 59 9 3 43 0.01 11 0.01 6.8 25 0.01
KL34-05 659.7 662.7 0.46 4600 0.21 1.5 111 60 2 135 0.01 16 0.01 6.5 44 0.01
KL34-05 662.7 665.7 0.125 1250 0.02 0.1 43 15 2 38 0.01 16 0.01 5.8 39 0.01
KL34-05 665.7 668.7 0.076 760 0.03 0.1 24 9 1 53 0.01 7 0.01 3.0 30 0.01
KL34-05 668.7 671.7 0.077 770 0.02 0.1 36 5 4 51 0.01 14 0.01 3.0 45 0.01
KL34-05 671.7 674.7 0.21 2100 0.04 0.6 32 5 6 45 0.01 19 0.01 7.3 41 0.01
KL34-05 674.7 677.7 0.54 5400 0.24 2.3 74 6 5 24 0.01 31 0.01 6.3 52 0.01
KL34-05 677.7 680.7 0.96 9600 0.58 4.8 98 6 4 29 0.01 36 0.01 8.3 60 0.01
KL34-05 680.7 683.7 0.26 2600 0.2 0.9 74 12 4 46 0.01 17 0.01 4.3 36 0.01
KL34-05 683.7 686.7 0.74 7400 0.35 1.8 130 7 1 550 0.01 33 2.6 8.0 26 0.01
KL34-05 686.7 689.7 0.24 2400 0.12 1 101 6 1 54 0.01 30 0.01 3.8 30 0.01
KL34-05 689.7 692.7 0.089 890 0.04 0.6 74 24 4 21 0.01 12 0.01 3.3 23 0.01



Appendix V - 254 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-05 692.7 695.7 0.52 5200 0.26 1.4 101 6 1 27 0.01 32 3.8 5.1 28 0.01
KL34-05 695.7 698.7 0.38 3800 0.23 1 90 5 1 14 0.01 16 1.6 4.0 35 0.01
KL34-05 698.7 701.7 0.16 1600 0.06 0.1 49 7 2 16 0.01 18 0.9 4.3 41 0.01
KL34-05 701.7 704.7 0.075 750 0.02 0.1 33 6 0.01 13 0.01 11 0.2 1.3 21 0.01
KL34-05 704.7 707.7 0.12 1200 0.01 0.1 43 7 1 7 0.01 12 0.01 3.3 19 0.01
KL34-05 707.7 710.7 0.23 2300 0.18 0.8 61 6 1 21 0.01 18 0.2 4.5 24 0.01
KL34-05 710.7 713.9 0.057 570 0.06 0.6 54 6 1 8 0.01 11 0.01 0.0 31 0.01
KL34-05 713.9 716.7 0.05 500 0.01 0.1 71 26 4 51 0.01 15 0.2 7.5 25 0.01
KL34-05 716.7 719.7 0.2 2000 0.05 0.1 55 7 1 30 0.01 19 0.9 13.3 30 0.01
KL34-05 719.7 722.7 0.104 1040 0.01 0.1 46 10 2 35 0.01 18 0.01 4.8 25 0.01
KL34-05 722.7 725.7 0.185 1850 0.05 0.8 289 181 1 23 0.01 18 0.01 5.8 31 0.01
KL34-05 725.7 728.2 0.174 1740 0.09 0.8 36 9 0.01 33 0.01 18 0.01 9.7 22 0.01
KL34-05 728.2 731.2 0.071 710 0.01 0.1 10 5 0.01 11 0.01 3 0.01 2.5 30 0.01
KL34-05 731.2 734.2 0.078 780 0.02 0.1 12 6 0.01 12 0.01 2 0.01 1.0 46 0.01
KL34-05 734.2 737.3 0.155 1550 0.03 0.9 170 87 0.01 15 1 3 0.2 2.0 13 0.01
KL34-05 737.3 740.3 0.46 4600 0.2 1.1 129 42 0.01 76 0.01 16 0.01 7.1 22 0.01
KL34-05 740.3 743.3 0.08 800 0.02 0.1 27 7 0.01 148 0.01 9 0.01 1.8 10 0.01
KL34-05 743.3 746.4 0.145 1450 0.11 0.9 35 6 0.01 5 0.01 10 0.01 1.7 16 0.01
KL34-05 746.4 749.4 0.21 2100 0.09 1.1 30 8 1 303 0.01 9 0.2 7.5 12 0.01
KL34-05 749.4 752.5 0.183 1830 0.16 1 47 10 0.01 28 0.01 10 0.01 2.8 11 0.01
KL34-05 752.5 755.6 0.115 1150 0.06 0.9 41 7 0.01 17 0.01 11 0.01 2.3 8 0.01
KL34-05 755.6 758.7 0.168 1680 0.09 1.1 25 5 0.01 142 0.01 7 0.01 3.3 15 0.01
KL34-05 758.7 761.7 0.196 1960 0.09 1.1 141 113 0.01 186 0.01 9 0.01 6.3 9 0.01
KL34-05 761.7 764.7 0.081 810 0.02 0.9 25 10 0.01 15 0.01 5 0.01 1.0 8 0.01
KL34-05 764.7 767.7 0.074 740 0.14 0.1 18 6 0.01 18 0.01 5 0.01 1.5 9 0.01
KL34-05 767.7 770.7 0.09 900 0.15 0.9 18 7 2 6 1 6 0.2 2.0 9 0.01
KL34-05 770.7 773.7 0.78 7800 0.47 3.5 88 11 0.01 13 1 19 0.01 6.9 16 0.01
KL34-05 773.7 776.7 0.23 2300 0.27 1.1 40 5 0.01 11 1 8 0.01 3.0 12 0.01
KL34-05 776.7 779.7 0.12 1200 0.05 0.1 44 10 0.01 29 0.01 10 0.01 3.8 10 0.01
KL34-05 779.7 782.7 0.108 1080 0.07 0.1 41 5 0.01 15 0.01 8 0.01 2.3 10 0.01
KL34-05 782.7 785.7 0.083 830 0.06 1.1 27 5 0.01 11 0.01 7 0.3 1.9 9 0.01
KL34-05 785.7 788.7 0.158 1580 0.15 1.2 73 13 4 26 0.01 13 0.3 3.3 17 0.01
KL34-05 788.7 791.7 0.22 2200 0.27 1.4 59 8 1 9 1 12 0.3 4.8 27 0.01
KL34-05 791.7 794.7 0.44 4400 0.37 1.8 75 7 2 12 1 11 0.2 7.6 17 0.01
KL34-05 794.7 797.7 0.23 2300 0.28 2 103 6 1 4 1 19 0.01 6.0 20 0.01
KL34-05 797.7 800.7 0.195 1950 0.24 1.4 45 5 0.01 34 0.01 13 0.01 5.8 17 0.01
KL34-05 800.7 803.7 0.178 1780 0.23 1.5 29 5 1 26 1 10 0.01 5.4 8 0.01
KL34-05 803.7 806.7 0.058 580 0.02 0.1 13 7 0.01 10 0.01 4 0.01 1.8 6 0.01
KL34-05 806.7 809.5 0.06 600 0.01 0.7 16 12 0.01 30 0.01 3 0.01 1.8 8 0.01
KL34-06 0 2.8 0.0032 32 0.03 0.1 319 92 3 3 0.01 1 1.7 2.2 26 0.01
KL34-06 2.8 4.9 0.0018 18 0.03 0.1 410 127 8 5 0.01 1 1.8 2.0 37 0.01
KL34-06 4.9 8 0.0391 391 0.08 1.2 400 187 9 4 0.01 1 1.7 2.0 35 0.01
KL34-06 8 11.6 0.05 500 0.06 1 289 154 6 3 0.01 3 1.5 2.0 31 0.01
KL34-06 11.6 14.7 0.003 30 0.02 0.9 186 98 15 1 0.01 1 1.2 1.5 15 0.01
KL34-06 14.7 17.8 0.0029 29 0.02 1 254 104 11 1 0.01 1 0.8 2.0 20 0.01
KL34-06 17.8 20.8 0.0068 68 0.06 5 8500 1050 59 4 1 2 2.1 6.6 25 0.1
KL34-06 20.8 23.2 0.0051 51 0.05 2.5 4070 1020 23 1 0.01 2 2 5.2 20 0.1
KL34-06 23.2 26.3 0.0035 35 0.24 2.8 780 402 30 1 0.01 2 1 1.5 24 0.01
KL34-06 26.3 29.3 0.0062 62 0.22 5 3390 1740 20 1 0.01 1 2.8 1.8 20 0.28
KL34-06 29.3 32.3 0.0022 22 0.07 1.5 820 310 9 1 0.01 1 1.1 1.2 22 0.01
KL34-06 32.3 35.4 0.0325 325 0.03 1.5 127 93 4 1 0.01 1 0.7 1.0 21 0.01
KL34-06 35.4 38.4 0.108 1080 0.14 198 53700 45900 350 3 210 2 44 105.0 28 0.75
KL34-06 38.4 41.5 0.116 1160 0.1 44 23600 25800 270 12 41 4 78 230.0 63 0.97
KL34-06 41.5 44.6 0.0109 109 0.16 61 2100 28000 300 12 82 2 41 240.0 27 0.1
KL34-06 44.6 47.6 0.0032 32 0.06 1.1 450 229 7 3 0.01 1 1.9 5.1 25 0.14
KL34-06 47.6 50.8 0.0105 105 0.13 0.8 358 167 64 7 2 2 2 2.0 23 0.01
KL34-06 50.8 53.6 0.0047 47 0.03 0.6 151 74 4 1 0.01 3 0.9 2.5 21 0.01
KL34-06 53.6 56.8 0.0028 28 0.07 0.5 264 86 3 1 0.01 1 1.3 1.5 22 0.01
KL34-06 56.8 59.6 0.0095 95 0.2 0.6 1230 326 33 4 0.01 1 2.5 3.0 27 0.01
KL34-06 59.6 62.7 0.0116 116 0.01 0.1 276 88 9 3 0.01 1 0.6 2.2 34 0.01
KL34-06 62.7 65.8 0.0034 34 0.03 0.1 361 170 14 3 0.01 1 0.8 1.2 24 0.01
KL34-06 65.8 68.8 0.0039 39 0.02 0.1 126 46 57 2 0.01 1 1.9 2.0 40 0.01
KL34-06 68.8 71.8 0.0025 25 0.03 0.1 590 325 10 1 0.01 1 1.3 1.5 22 0.01



Appendix V - 255 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-06 71.8 74.8 0.21 2100 0.19 3.5 1570 1180 130 7 4 8 5.2 5.8 62 0.01
KL34-06 74.8 77.6 0.0102 102 0.13 1.5 1260 530 35 41 2 3 4.7 3.0 33 0.1
KL34-06 77.6 80.2 0.0409 409 0.18 10.1 3990 2490 150 37 4 4 11.3 19.5 65 0.42
KL34-06 80.2 83.1 0.35 3500 0.45 302 29500 47000 800 16 44 2 72 103.0 54 3.48
KL34-06 83.1 86.8 0.0241 241 0.63 10 5400 5800 270 150 11 3 17.8 15.0 124 0.26
KL34-06 86.8 91.3 0.055 550 0.19 5.7 1530 840 61 16 18 5 6.9 23.5 85 0.01
KL34-06 91.3 93.7 0.0289 289 0.12 4.1 3700 500 61 12 47 9 5 11.8 103 0.01
KL34-06 93.7 96.8 0.079 790 0.16 16.5 4870 3150 270 11 66 5 26 11.2 94 0.24
KL34-06 96.8 100.2 0.042 420 0.15 13.3 9300 7900 97 14 33 3 20 16.5 155 0.2
KL34-06 100.2 103.1 0.0375 375 0.13 3 1370 392 110 15 8 2 20 3.8 187 0.1
KL34-06 103.1 107.3 0.0076 76 0.15 3.2 2660 900 48 11 2 1 3.5 3.0 90 0.1
KL34-06 107.3 110.8 0.083 830 0.29 4.4 2440 1720 82 16 4 1 5.3 6.2 76 0.13
KL34-06 110.8 113.8 0.198 1980 0.49 13.5 2450 1350 79 71 14 3 5.9 16.8 73 0.26
KL34-06 113.8 116.8 0.42 4200 0.44 20.8 6400 4200 450 243 130 17 20 23.5 38 0.1
KL34-06 116.8 119.8 0.415 4150 0.28 6.7 3070 1480 80 40 20 5 9.8 7.2 27 0.01
KL34-06 119.8 122.3 0.0151 151 0.3 2.8 1580 850 39 18 5 1 9.9 6.0 33 0.01
KL34-06 122.3 125.8 0.0176 176 0.18 3.6 2850 2270 29 27 6 1 7.2 8.0 20 0.01
KL34-06 125.8 128.8 0.0243 243 0.16 5.8 4130 1650 39 32 15 3 14.3 11.8 27 0.01
KL34-06 128.8 134.3 0.0203 203 0.28 3.8 2070 1170 49 57 6 2 12.4 9.5 18 0.01
KL34-06 134.3 137.3 0.0107 107 0.09 1.6 840 460 36 55 4 1 5.2 5.0 24 0.01
KL34-06 137.3 140.4 0.0088 88 0.09 3.3 2940 1170 22 129 7 1 5.3 6.5 23 0.01
KL34-06 140.4 143.5 0.01 100 0.08 2.9 900 590 30 44 3 1 4.4 5.2 25 0.01
KL34-06 143.5 146.3 0.0043 43 0.05 1.5 327 308 18 41 3 1 3.1 3.5 24 0.01
KL34-06 146.3 149.8 0.0108 108 0.08 3.6 2930 1460 28 128 9 1 6.2 6.8 23 0.01
KL34-06 149.8 152.8 0.0325 325 0.13 2.9 1150 490 31 69 8 1 3.4 7.0 20 0.01
KL34-06 152.8 156.1 0.052 520 0.1 8.8 3980 1710 38 119 26 1 6.9 16.0 13 0.01
KL34-06 156.1 160.2 0.0232 232 0.2 5.9 3260 2800 70 131 14 1 6.4 12.2 21 0.01
KL34-06 160.2 163.7 0.0145 145 0.07 2.2 1430 1310 21 66 4 1 2.1 5.0 16 0.01
KL34-06 163.7 167.2 0.013 130 0.1 3.7 2620 3200 20 38 6 1 4 9.7 16 0.01
KL34-06 167.2 170.8 0.0201 201 0.22 8.2 4370 3600 37 132 19 1 6 11.5 18 0.01
KL34-06 170.8 173.7 0.028 280 0.23 7.3 1990 1350 64 360 26 1 7 8.0 16 0.01
KL34-06 173.7 176.5 0.25 2500 0.52 23.8 10000 6600 760 1370 82 6 149 36.0 22 0.46
KL34-06 176.5 179.8 0.178 1780 0.31 28 8000 4700 670 925 64 4 42 14.5 23 0.27
KL34-06 179.8 182.8 0.106 1060 0.35 12.7 6600 4300 290 307 33 3 22 12.8 21 0.2
KL34-06 182.8 185.8 0.183 1830 0.27 19.4 18500 9500 400 120 32 4 46 22.4 20 0.21
KL34-06 185.8 188.8 0.174 1740 0.68 24.4 19400 15500 500 129 23 4 24 15.8 24 0.22
KL34-06 188.8 191.8 0.073 730 0.59 34 25700 27500 140 63 9 3 16 20.5 32 0.01
KL34-06 191.8 193.8 0.32 3200 1.99 37 30700 24900 130 90 49 6 9.6 98.0 38 0.01
KL34-06 193.8 197.8 0.75 7500 1.7 169 63000 18500 350 680 420 63 9.2 201.0 77 0.12
KL34-06 197.8 200.2 1.54 15400 2.27 116 67000 26600 250 12 310 8 6.3 125.0 91 0.34
KL34-06 200.2 203.8 1.89 18900 5.4 24.5 1550 630 200 15 260 38 5.2 64.8 132 0.28
KL34-06 203.8 206.4 1.11 11100 1.9 12.8 234 230 170 34 60 32 3.7 58.0 83 0.28
KL34-06 206.4 209.5 2.03 20300 1.89 26.3 400 176 200 274 80 71 4.9 36.0 67 0.24
KL34-06 209.5 212.6 0.41 4100 1.02 8.8 580 492 140 650 50 16 5.6 45.0 121 0.12
KL34-06 212.6 215.3 0.332 3320 0.65 7.7 720 298 140 500 36 14 6.9 27.0 126 0.12
KL34-06 215.3 218.8 1.9 19000 1.47 28.8 2500 490 210 181 50 51 10.1 36.0 114 0.32
KL34-06 218.8 221 1.92 19200 1.23 27.5 1500 720 150 314 40 30 5.7 35.0 115 0.46
KL34-06 221 224.1 0.67 6700 1.05 15.4 1580 610 58 117 19 25 4.8 22.0 138 0.3
KL34-06 224.1 227.7 1.78 17800 0.81 20 247 184 150 40 5 36 2.3 32.0 147 0.5
KL34-06 227.7 230.8 1.56 15600 0.68 6 119 146 100 111 4 52 3.4 66.5 115 0.1
KL34-06 230.8 233.8 2.55 25500 0.93 13.4 174 104 220 221 39 216 15.1 95.0 121 0.1
KL34-06 233.8 236.8 2.32 23200 0.84 10.3 87 71 100 352 5 62 1.9 55.0 112 0.18
KL34-06 236.8 239.8 3.98 39800 1.39 16 226 140 310 419 6 86 3.9 53.0 93 0.3
KL34-06 239.8 242.8 1.58 15800 0.72 4.7 181 133 160 134 5 104 1.8 43.0 128 0.1
KL34-06 242.8 245.2 1.39 13900 0.54 3 61 49 100 325 4 98 1.6 24.0 158 0.01
KL34-06 245.2 248.2 3.03 30300 1.42 16.8 540 204 350 418 8 134 6.5 26.0 98 0.32
KL34-06 248.2 251.3 3.01 30100 2.98 15.6 570 305 290 509 5 50 5.4 21.0 76 0.34
KL34-06 251.3 254.4 1.7 17000 1.25 8.4 138 78 350 345 7 81 30 23.5 120 0.12
KL34-06 254.4 257.7 3.33 33300 1.34 10.5 189 87 280 70 7 76 30.3 36.0 80 0.01
KL34-06 257.7 260.8 3.7 37000 3.03 14.4 1820 800 140 238 3 88 5.1 30.0 85 0.01
KL34-06 260.8 263.8 2.63 26300 3.06 12.5 1500 1440 120 77 3 112 5.3 25.0 72 0.01
KL34-06 263.8 266.5 3.35 33500 1.6 13.1 530 123 150 140 4 125 7.3 29.0 80 0.01
KL34-06 266.5 269.2 2.03 20300 1.16 8.6 171 106 180 123 5 49 9.4 24.0 125 0.01



Appendix V - 256 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-06 269.2 272.2 1.49 14900 0.7 12.1 190 89 43 450 5 53 5.6 17.5 100 0.01
KL34-06 272.2 275.2 2.9 29000 1.1 30.6 110 68 1840 435 4 110 45 32.0 149 0.01
KL34-06 275.2 278.3 1.79 17900 1.06 19.2 700 128 460 133 5 67 12.2 28.0 98 0.1
KL34-06 278.3 281.5 1.95 19500 2.6 13.5 7200 2300 150 205 5 41 9.3 21.0 128 0.31
KL34-06 281.5 284.5 2.27 22700 1.8 11.1 325 154 170 313 3 64 13.9 28.5 117 0.16
KL34-06 284.5 287.4 1.43 14300 2.92 9.6 2100 640 140 207 6 42 6.7 24.0 125 0.01
KL34-06 287.4 290.3 1.51 15100 2.8 14.1 3400 2600 120 44 4 21 6.2 22.0 99 0.01
KL34-06 290.3 293.3 1.45 14500 2.16 10.8 342 262 150 50 5 36 3.5 28.5 90 0.01
KL34-06 293.3 296.8 2.8 28000 2.58 15.2 420 92 56 11 3 51 2.5 38.0 127 0.1
KL34-06 296.8 299.1 0.92 9200 4.99 10.1 1530 107 210 13 90 20 4.1 68.0 140 0.01
KL34-06 299.1 302.2 0.62 6200 6.2 7.4 430 286 150 76 140 19 2.9 95.0 95 0.01
KL34-06 302.2 305.3 0.35 3500 5.9 30 32000 22100 520 65 167 8 32 258.0 127 0.42
KL34-06 305.3 308.6 0.25 2500 4.4 60 61000 55800 550 119 86 13 79 262.0 98 0.9
KL34-06 308.6 311.7 0.25 2500 5.2 42 31300 23500 700 124 70 20 48 147.0 123 0.25
KL34-06 311.7 314.8 0.051 510 1.12 7.6 5300 2800 100 33 18 19 11.6 19.2 53 0.17
KL34-06 314.8 317.8 0.0269 269 1.01 6.6 3950 2000 180 30 19 4 7.2 9.2 50 0.01
KL34-06 317.8 320.8 0.048 480 1.14 10.2 10300 2000 120 59 61 3 9.2 17.0 51 0.22
KL34-06 320.8 323.8 0.0358 358 0.99 2.8 2870 700 160 33 18 8 9.3 11.2 55 0.01
KL34-06 323.8 326.8 0.058 580 0.53 2.2 1690 211 59 8 6 4 2.6 5.8 35 0.01
KL34-06 326.8 329.8 0.0174 174 0.36 3.3 1780 700 100 5 15 3 2.5 6.5 43 0.01
KL34-06 329.8 332.8 0.08 800 0.58 7.2 20000 1150 96 18 35 2 4.2 25.5 35 0.01
KL34-06 332.8 335.8 0.0151 151 0.44 1.1 870 295 130 13 9 4 4.9 4.2 46 0.01
KL34-06 335.8 338.8 0.0147 147 0.33 0.6 235 98 89 7 9 3 3.4 3.1 36 0.01
KL34-06 338.8 341.8 0.0136 136 0.62 0.5 376 132 72 6 8 2 2.3 4.3 34 0.01
KL34-06 341.8 344.8 0.049 490 0.12 0.9 410 267 34 5 1 4 2.9 3.2 36 0.01
KL34-06 344.8 347.8 0.0274 274 0.78 0.9 690 336 190 16 6 5 5.8 7.0 36 0.01
KL34-06 347.8 350.8 0.0208 208 0.97 1.2 540 200 160 21 34 5 5.8 9.4 31 0.19
KL34-06 350.8 353.8 0.043 430 0.45 0.6 252 40 110 10 4 6 3.6 2.2 31 0.01
KL34-06 353.8 356.8 0.0289 289 0.2 0.1 214 33 67 8 2 4 2.5 1.1 28 0.01
KL34-06 356.8 359.8 0.0168 168 0.08 0.1 170 34 40 3 1 3 1.5 0.7 18 0.01
KL34-06 359.8 362.8 0.0084 84 0.18 1.5 1000 353 31 2 1 1 2.9 2.3 22 0.1
KL34-06 362.8 365.8 0.0243 243 0.72 2.6 4300 4900 210 13 2 4 1.9 6.8 42 0.19
KL34-06 365.8 368.8 0.0087 87 0.17 0.1 186 84 130 8 1 2 2.4 0.8 21 0.01
KL34-06 368.8 371.8 0.0159 159 0.34 0.1 306 107 98 12 2 4 2.1 1.6 34 0.01
KL34-06 371.8 374.8 0.011 110 0.18 0.1 520 232 100 35 3 4 2.7 3.2 42 0.01
KL34-06 374.8 377.8 0.016 160 0.73 10.8 430 14500 87 39 4 3 10.4 368.0 50 0.01
KL34-06 377.8 380.8 0.0078 78 0.27 0.1 214 114 150 10 1 1 3.3 5.3 32 0.01
KL34-06 380.8 383.8 0.0084 84 0.27 1.6 1310 850 120 10 1 1 4.4 2.7 27 0.11
KL34-06 383.8 386.8 0.0086 86 0.44 0.1 470 192 140 8 1 2 4.1 2.9 39 0.01
KL34-06 386.8 389.8 0.047 470 1.31 19.3 4800 7800 430 26 6 1 30.8 7.4 48 0.31
KL34-06 389.8 392.8 0.067 670 0.27 1.4 195 355 100 520 6 9 2.5 2.5 121 0.01
KL34-06 392.8 395.8 0.0283 283 0.52 1 440 268 130 26 4 3 3.6 3.6 40 0.01
KL34-06 395.8 398.8 0.094 940 0.77 1.6 310 118 120 15 7 8 3.3 7.0 42 0.01
KL34-06 398.8 401.8 0.0305 305 0.98 0.8 220 118 100 10 5 3 3.1 3.6 41 0.01
KL34-06 401.8 404.8 0.0735 735 1.82 32.2 21100 20400 270 16 106 3 24 14.5 84 0.44
KL34-06 404.8 407.8 0.192 1920 1.02 2.9 5400 274 300 58 47 28 10.1 5.2 51 0.29
KL34-06 407.8 410.8 0.134 1340 0.49 6.6 4400 4400 160 82 34 10 10.6 24.0 33 0.1
KL34-06 410.8 413.8 0.058 580 0.67 7.6 12400 8500 240 10 8 3 13.5 20.5 32 0.16
KL34-06 413.8 416.8 0.07 700 1.72 15.7 28700 32100 420 31 34 4 28 224.0 67 0.26
KL34-06 416.8 419.8 0.73 7300 2.87 6.8 306 103 200 55 45 6 5.7 5.1 48 0.01
KL34-06 419.8 422.8 0.74 7400 2.93 5.1 480 282 360 143 120 7 12.3 5.7 49 0.01
KL34-06 422.8 426 2.08 20800 2.63 17.3 2100 1540 510 92 320 19 4.9 22.0 45 0.01
KL34-06 426 428.8 0.054 540 4.78 43 14800 35100 290 24 14 4 58 11.8 73 0.47
KL34-06 428.8 431.8 0.153 1530 0.24 3.3 383 490 66 348 8 3 3.1 3.4 67 0.01
KL34-06 431.8 434.8 0.149 1490 0.31 2.2 226 310 91 470 16 5 2.9 3.7 80 0.01
KL34-06 434.8 437.8 0.2505 2505 0.39 1.8 176 215 63 64 6 11 2.6 6.4 180 0.01
KL34-06 437.8 440.8 0.122 1220 0.3 9.1 288 1280 110 290 64 9 7.1 12.8 95 0.01
KL34-06 440.8 443.8 0.177 1770 0.29 3.3 339 450 79 158 22 8 2.4 6.2 164 0.01
KL34-06 443.8 446.8 0.089 890 0.38 10.4 3500 2900 160 430 69 22 5 18.5 187 0.01
KL34-06 446.8 449.8 0.132 1320 0.42 46 5600 41700 120 112 66 5 34 145.0 125 0.01
KL34-06 449.8 452.8 0.096 960 0.43 11.8 1720 11700 140 202 26 4 11.4 80.0 69 0.01
KL34-06 452.8 455.8 0.179 1790 0.36 5 1770 940 130 309 38 5 6.1 13.2 101 0.01
KL34-06 455.8 458.8 0.086 860 0.47 18.9 11800 33500 140 430 16 4 34 86.0 111 0.01



Appendix V - 257 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-06 458.8 461.8 0.091 910 0.28 16.1 4200 6500 110 910 32 5 6.6 16.3 64 0.01
KL34-06 461.8 464.8 0.059 590 0.69 17.4 3440 6400 140 268 35 4 4.7 14.5 89 0.01
KL34-06 464.8 467.8 0.107 1070 0.93 13.2 11100 9100 180 371 17 7 11.2 20.0 121 0.01
KL34-06 467.8 470.8 0.096 960 0.49 10.6 14200 10900 78 333 10 7 10.6 10.5 84 0.01
KL34-06 470.8 473.8 0.088 880 1.12 9.1 4700 3100 170 218 24 4 6.8 10.3 81 0.01
KL34-06 473.8 476.8 1.26 12600 1.44 35.5 24100 17600 540 600 76 30 5.4 48.8 41 0.01
KL34-06 476.8 479.8 0.44 4400 2.06 33.3 20800 16300 540 575 56 17 18.4 20.8 120 0.01
KL34-06 479.8 482.8 0.04 400 0.66 7.3 7300 6400 120 310 12 10 6.2 11.2 144 0.01
KL34-06 482.8 485.8 0.0095 95 0.17 1 100 173 60 24 0.01 1 3.6 3.5 22 0.01
KL34-06 485.8 488.8 0.0245 245 0.28 1.7 650 700 52 480 7 4 5 5.5 91 0.01
KL34-06 488.8 491.8 1.41 14100 0.33 7 1030 540 73 28 0.01 14 1.6 2.0 13 0.01
KL34-06 491.8 494.8 0.0219 219 0.06 0.8 277 1860 28 13 0.01 2 3.5 2.7 10 0.01
KL34-06 494.8 497.8 0.0116 116 0.22 1 139 195 78 600 40 4 2.4 5.6 93 0.01
KL34-06 497.8 500.8 0.11 1100 0.28 4.6 276 1400 200 950 7 5 8.4 5.8 102 0.01
KL34-06 500.8 503.8 0.069 690 0.17 0.7 270 170 68 161 3 3 2.3 3.2 71 0.01
KL34-06 503.8 506.8 0.0214 214 0.65 3.2 780 267 140 47 0.01 4 12.3 6.8 29 0.01
KL34-06 506.8 509.8 0.047 470 0.2 0.8 171 80 72 211 1 3 2.5 6.9 83 0.01
KL34-06 509.8 512.8 0.0174 174 0.33 0.7 113 58 71 170 1 3 2.7 5.5 203 0.01
KL34-06 512.8 515.8 0.053 530 0.06 0.1 94 38 25 135 1 2 1.8 2.6 76 0.01
KL34-06 515.8 518.8 0.152 1520 0.59 2.7 1370 900 170 256 62 9 4.8 6.5 138 0.01
KL34-06 518.8 521.8 0.0065 65 0.26 2.9 143 331 57 28 13 1 3.4 50.0 30 0.01
KL34-06 521.8 524.8 0.0035 35 0.2 0.1 106 83 34 15 0.01 1 2.2 4.3 27 0.01
KL34-06 524.8 527.8 0.0129 129 0.29 1 392 335 78 33 2 1 3.9 4.7 37 0.01
KL34-06 527.8 530.8 0.0281 281 0.47 1.2 730 224 140 124 3 4 5.4 4.9 73 0.01
KL34-06 530.8 533.8 0.067 670 0.48 1.7 6000 360 190 240 9 4 10.7 12.0 78 0.18
KL34-06 533.8 536.8 0.0033 33 0.23 0.6 185 81 47 31 0.01 2 3.7 4.5 43 0.01
KL34-06 536.8 539.8 0.0022 22 0.13 0.1 104 100 23 8 0.01 1 2.9 3.9 27 0.01
KL34-06 539.8 542.8 0.0032 32 0.17 0.1 341 85 44 12 0.01 1 4.7 4.6 36 0.01
KL34-06 542.8 545.8 0.0118 118 0.29 0.7 153 67 59 16 0.01 1 6.7 3.3 43 0.01
KL34-06 545.8 548.8 0.24 2400 0.49 2.2 2650 81 56 97 2 1 5.8 7.5 52 0.28
KL34-06 548.8 551.8 0.293 2930 0.45 3.2 740 250 51 28 2 4 6.2 7.3 38 0.1
KL34-06 551.8 554.8 0.058 580 0.57 2.1 500 130 140 74 3 2 11.8 7.2 59 0.12
KL34-06 554.8 557.8 0.099 990 0.98 1.6 540 131 220 71 3 3 17.2 8.0 75 0.01
KL34-06 557.8 560.8 0.0264 264 0.62 0.7 266 80 160 46 2 3 10.1 5.7 62 0.1
KL34-06 560.8 563.8 0.0061 61 0.13 0.1 142 62 30 10 1 1 1.6 2.9 36 0.01
KL34-06 563.8 566.8 0.0075 75 0.09 0.1 58 21 25 12 0.01 1 1 1.4 30 0.01
KL34-06 566.8 569.8 0.0154 154 0.09 0.1 61 21 36 18 0.01 1 0.9 1.3 30 0.01
KL34-06 569.8 572.8 0.0064 64 0.05 0.1 67 54 17 14 0.01 1 0.5 2.2 29 0.01
KL34-06 572.8 575.8 0.0018 18 0.04 0.1 31 25 8 4 0.01 1 0.3 1.0 20 0.01
KL34-06 575.8 578.8 0.0051 51 0.09 0.6 260 430 14 6 1 1 0.9 20.0 23 0.01
KL34-06 578.8 581.8 0.0134 134 0.25 1.3 620 420 52 21 6 1 4 8.7 32 0.01
KL34-06 581.8 584.8 0.0052 52 0.04 0.1 78 120 9 5 0.01 1 0.4 2.3 19 0.01
KL34-06 584.8 587.8 0.0057 57 0.07 0.1 47 31 9 9 0.01 1 0.01 1.6 18 0.01
KL34-06 587.8 590.8 0.0078 78 0.06 0.1 86 70 16 17 0.01 1 0.6 2.3 19 0.01
KL34-06 590.8 593.8 0.0064 64 0.07 0.1 180 300 15 14 1 1 1.1 8.3 21 0.01
KL34-06 593.8 596.8 0.0065 65 0.06 0.6 245 201 13 12 1 1 1 5.6 18 0.01
KL34-06 596.8 599.8 0.0246 246 0.05 0.7 460 382 12 14 1 1 0.8 5.8 15 0.01
KL34-06 599.8 602.8 0.0088 88 0.06 0.1 190 141 12 11 0.01 1 0.6 4.6 16 0.01
KL34-06 602.8 605.8
KL34-06 605.8 608.8
KL34-06 608.8 611.8
KL34-06 611.8 614.8
KL34-06 614.8 617.8
KL34-06 617.8 620.8
KL34-06 620.8 623.8
KL34-06 623.8 626.8
KL34-06 626.8 629.8
KL34-06 629.8 632.8
KL34-06 632.8 635.8
KL34-06 635.8 638.8
KL34-06 638.8 641.8
KL34-06 641.8 644.8
KL34-06 644.8 647.8



Appendix V - 258 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-06 647.8 650.8
KL34-06 650.8 653.8
KL34-06 653.8 656.8
KL34-06 656.8 659.8
KL34-06 659.8 662.8
KL34-06 662.8 665.8
KL34-07 0 4.2 0.008 80 0.03 0.9 320 165 15 4 0.01 1 0.9 1.7 20 0.01
KL34-07 4.2 6.4 0.0033 33 0.08 2 820 306 26 9 1 1 2.5 4.2 33 0.1
KL34-07 6.4 9.7 0.0046 46 0.08 1.9 1760 344 25 5 0.01 1 2.1 2.7 23 0.1
KL34-07 9.7 14 0.0089 89 0.04 1.3 540 220 16 6 0.01 1 1.6 2.1 19 0.01
KL34-07 14 17.4 0.0059 59 0.03 1.6 750 400 18 7 1 1 1.5 3.2 13 0.01
KL34-07 17.4 20.4 0.0129 129 0.04 1.2 470 187 18 5 1 1 1.2 2.3 17 0.01
KL34-07 20.4 23.5 0.0087 87 0.02 1 275 136 20 4 2 3 0.5 2.0 23 0.01
KL34-07 23.5 26.7 0.0099 99 0.04 2.2 590 324 35 4 1 1 2.2 2.8 32 0.01
KL34-07 26.7 29.7 0.0061 61 0.16 1.5 325 158 24 3 1 2 1.2 1.7 27 0.01
KL34-07 29.7 32.7 0.0081 81 0.13 1.2 470 180 16 1 0.01 3 1.8 2.2 21 0.01
KL34-07 32.7 35.7 0.0044 44 0.1 0.5 158 90 14 2 0.01 1 0.5 1.4 19 0.01
KL34-07 35.7 37.4 0.0066 66 0.11 1 318 237 14 1 0.01 1 0.7 1.8 16 0.01
KL34-07 37.4 40.4 0.0047 47 0.08 0.8 242 100 10 1 0.01 1 1.2 1.4 20 0.01
KL34-07 40.4 44 0.0037 37 0.18 1 264 154 16 1 0.01 1 0.8 2.0 18 0.01
KL34-07 44 47.1 0.0234 234 0.19 8.3 1610 1700 48 7 16 4 4 13.8 27 0.14
KL34-07 47.1 49.5 0.107 1070 0.24 21.2 20100 14000 260 119 25 5 32 21.0 22 0.36
KL34-07 49.5 52.7 0.24 2400 0.38 345 70800 55300 420 6 830 10 44 560.0 28 0.5
KL34-07 52.7 56.4 0.065 650 0.16 11.6 6600 3480 60 36 41 6 49 52.0 41 0.17
KL34-07 56.4 59.5 0.0105 105 0.27 2.3 580 400 67 5 1 1 4.8 6.1 23 0.12
KL34-07 59.5 62.6 0.0399 399 0.08 1.5 490 301 34 19 4 2 1.5 5.2 23 0.1
KL34-07 62.6 65.7 0.0063 63 0.02 1 213 200 25 1 3 2 0.7 2.3 25 0.01
KL34-07 65.7 68.7 0.0085 85 0.02 2.1 790 381 27 1 3 3 1.3 3.2 24 0.01
KL34-07 68.7 71.7 0.007 70 0.04 0.6 142 80 14 1 0.01 1 0.7 1.5 20 0.01
KL34-07 71.7 74.7 0.015 150 0.07 0.6 319 120 17 3 1 2 1.4 1.7 23 0.01
KL34-07 74.7 77.7 0.0248 248 0.05 0.9 241 130 20 20 2 1 0.7 2.8 27 0.01
KL34-07 77.7 80.7 0.0133 133 0.06 1.1 284 241 34 3 1 2 1.3 2.3 27 0.1
KL34-07 80.7 83.7 0.007 70 0.23 4.7 890 570 100 4 1 3 6 8.1 26 0.16
KL34-07 83.7 86.7 0.0096 96 0.08 1.1 470 250 51 3 2 1 3 2.4 40 0.1
KL34-07 86.7 89.3 0.06 600 0.12 28 15000 13500 140 30 15 3 19.2 11.3 44 0.6
KL34-07 89.3 92.7 0.063 630 0.08 11.9 6700 4310 90 41 42 6 11.5 55.0 77 0.19
KL34-07 92.7 95.7 0.0134 134 0.22 11.4 2550 2710 61 12 6 4 11.3 14.5 21 0.47
KL34-07 95.7 98.3 0.061 610 0.36 13.4 2600 1500 240 9 73 4 47 120.0 104 0.2
KL34-07 98.3 101.7 0.0246 246 0.26 5.4 1680 620 100 6 20 1 32 6.7 125 0.1
KL34-07 101.7 105 0.0306 306 0.16 5.5 1810 510 170 5 33 3 30 5.8 118 0.13
KL34-07 105 108.1 0.0257 257 0.16 3.6 1270 410 110 14 12 2 12.3 7.0 131 0.1
KL34-07 108.1 110.6 0.0213 213 0.1 3.1 1520 560 56 8 4 1 7.3 3.9 146 0.1
KL34-07 110.6 113.7 0.048 480 0.09 5 1390 370 140 7 9 1 26 3.6 182 0.11
KL34-07 113.7 116.3 0.107 1070 0.12 3.5 2150 405 240 61 27 1 15.4 6.9 105 0.16
KL34-07 116.3 119.7 0.0167 167 0.17 3.1 2530 640 100 28 35 2 6.2 5.7 101 0.16
KL34-07 119.7 121.8 0.0097 97 0.15 3.8 5900 1200 94 7 21 5 8.2 7.1 100 0.13
KL34-07 121.8 124.8 0.0084 84 0.13 1.3 2680 440 84 17 2 2 4.5 3.9 102 0.1
KL34-07 124.8 127.8 0.0088 88 0.21 0.9 1520 227 120 90 5 3 5 2.7 75 0.01
KL34-07 127.8 131.8 0.0264 264 0.41 2.4 7200 530 240 433 16 4 11 11.6 104 0.22
KL34-07 131.8 134.8 0.073 730 0.6 7.2 12400 2000 300 368 30 6 30 19.2 100 0.37
KL34-07 134.8 137.3 0.0244 244 0.35 5 6500 2200 120 256 19 3 7 13.9 64 0.17
KL34-07 137.3 140.4 0.043 430 0.35 5.8 8300 1500 190 135 34 2 12.2 12.5 29 0.15
KL34-07 140.4 143.2 0.041 410 0.24 3.6 2980 970 120 62 12 7 11.8 6.5 21 0.01
KL34-07 143.2 146.2 0.0226 226 0.21 2.8 1900 670 93 37 8 2 4.7 6.8 23 0.01
KL34-07 146.2 149.2 0.0071 71 0.11 0.8 720 261 27 14 3 3 1.4 2.8 26 0.01
KL34-07 149.2 152.6 0.0085 85 0.14 0.6 510 160 27 10 1 1 1.3 1.4 22 0.01
KL34-07 152.6 155.7 0.0075 75 0.08 2.3 410 580 15 30 5 1 2 5.0 31 0.01
KL34-07 155.7 158.1 0.0136 136 0.09 1.9 1280 630 35 56 6 2 5.6 5.8 24 0.01
KL34-07 158.1 161.8 0.007 70 0.14 1.1 295 287 21 26 2 2 1.2 5.3 23 0.01
KL34-07 161.8 164 0.0076 76 0.08 1.5 500 353 13 75 4 2 1.6 3.8 26 0.01
KL34-07 164 166.1 0.0164 164 0.24 6.1 10000 1200 130 102 29 6 9 11.4 29 0.22
KL34-07 166.1 168.4 0.0156 156 0.12 2.3 640 392 33 210 6 2 2.6 6.0 24 0.01
KL34-07 168.4 171.2 0.127 1270 0.11 5.1 5900 840 120 87 17 13 9.5 8.0 18 0.01



Appendix V - 259 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-07 171.2 173.7 0.0242 242 0.11 2.6 1420 560 48 265 9 5 4.1 6.8 23 0.01
KL34-07 173.7 176.7 0.0129 129 0.3 4.3 810 630 96 25 6 4 8.1 9.0 30 0.01
KL34-07 176.7 179 0.087 870 0.18 5.2 4800 1110 110 76 14 10 16 8.5 16 0.01
KL34-07 179 182.1 0.0132 132 0.18 3.3 1450 750 43 40 10 4 7.8 5.3 27 0.01
KL34-07 182.1 184.4 0.06 600 0.14 8.4 6300 2600 130 71 31 3 20 10.3 14 0.01
KL34-07 184.4 185.6 0.0254 254 0.15 4.6 3300 1100 62 55 18 7 7.9 10.5 17 0.01
KL34-07 185.6 188.5 0.037 370 0.14 5 4520 1070 96 55 28 7 7.1 11.5 14 0.01
KL34-07 188.5 191.3 0.28 2800 0.28 9.9 11200 2100 500 71 52 14 50 15.0 13 0.17
KL34-07 191.3 194.2 0.157 1570 0.22 8.2 8700 1690 310 82 40 7 42 14.3 16 0.14
KL34-07 194.2 197.7 0.126 1260 0.27 19.1 15800 8500 300 120 34 5 42 20.3 24 0.14
KL34-07 197.7 200.2 0.21 2100 0.35 35.3 32800 20000 340 126 42 6 64 31.0 26 0.17
KL34-07 200.2 203.2 0.22 2200 0.36 30.1 26500 17600 510 118 30 5 105 55.0 35 0.15
KL34-07 203.2 205.7 0.31 3100 0.45 37.4 37400 23300 530 162 38 8 102 38.2 31 0.27
KL34-07 205.7 208.8 0.056 560 0.35 26.7 12400 10000 120 32 30 2 28 18.2 30 0.1
KL34-07 208.8 211.1 0.51 5100 1.45 27.8 17800 4500 570 104 90 18 16.8 46.0 41 0.11
KL34-07 211.1 214.2 1.18 11800 2.5 21.5 3600 570 910 102 132 25 103 81.0 141 0.14
KL34-07 214.2 217.1 0.96 9600 1.04 12.7 289 231 1310 38 130 34 105 94.0 104 0.12
KL34-07 217.1 220 2.17 21700 2.36 15 150 120 440 112 94 54 48 67.0 105 0.19
KL34-07 220 223 6.47 64700 1.68 55 700 315 450 71 610 50 25.5 75.0 99 0.18
KL34-07 223 225.7 6.45 64500 1.22 53 289 86 1890 43 680 99 102 80.0 47 0.34
KL34-07 225.7 227.6 1.59 15900 0.86 17 140 126 1390 195 78 60 86 54.0 91 0.1
KL34-07 227.6 230 1.16 11600 0.54 8.5 107 104 170 870 30 37 5.8 40.5 133 0.12
KL34-07 230 233.1 2.2 22000 0.76 14.6 620 375 360 1720 28 25 35 41.0 114 0.2
KL34-07 233.1 235.9 1.06 10600 0.76 10 110 90 400 510 12 54 24.3 46.8 63 0.01
KL34-07 235.9 237.3 0.8 8000 0.74 10.3 2500 1660 990 800 18 19 45 36.0 103 0.14
KL34-07 237.3 239.7 3.54 35400 0.8 17.6 1480 590 330 740 42 66 3.2 41.5 103 0.24
KL34-07 239.7 242 5.1 51000 1.5 42 670 107 160 168 198 159 6.2 80.0 120 0.14
KL34-07 242 244.8 3.32 33200 1.76 33.4 1090 320 190 225 70 130 10.4 39.0 98 0.18
KL34-07 244.8 247.4 2.08 20800 1.5 16.7 2100 2800 180 22 46 120 6.8 67.0 122 0.01
KL34-07 247.4 250.5 1.75 17500 1.72 12.1 600 1290 100 30 74 20 5.9 71.0 100 0.01
KL34-07 250.5 252.5 1.45 14500 4.2 19.2 6800 3300 300 275 186 47 13.9 70.0 108 0.01
KL34-07 252.5 254.5 1.84 18400 2.25 46 25600 8100 3200 323 188 16 110 65.0 73 0.54
KL34-07 254.5 256.7 0.0202 202 0.14 4.8 1690 1000 47 54 5 1 5.6 20.0 24 0.17
KL34-07 256.7 259.8 1.33 13300 1.12 137 63400 68400 410 1220 660 50 42 4500.0 66 0.12
KL34-07 259.8 262.9 0.27 2700 0.73 25.6 10000 8900 120 225 51 13 15.3 132.0 67 0.16
KL34-07 262.9 265.4 0.27 2700 1 37.3 15600 13200 260 337 36 11 26 50.0 82 0.48
KL34-07 265.4 268.4 0.184 1840 0.36 13.6 8500 9400 280 117 23 4 22 32.0 31 0.18
KL34-07 268.4 271.2 0.0127 127 0.04 2.7 470 287 29 36 3 1 1.4 2.2 20 0.1
KL34-07 271.2 272.9 0.0085 85 0.15 2.6 408 283 53 18 0.01 1 2 3.0 27 0.11
KL34-07 272.9 276.6 0.0195 195 0.22 8 1430 930 73 21 2 1 6.6 7.2 30 0.16
KL34-07 276.6 280.1 0.016 160 0.1 1.5 940 530 29 12 1 1 1.2 4.9 20 0.01
KL34-07 280.1 282.5 0.0094 94 0.04 0.6 220 95 24 31 1 1 0.7 1.7 18 0.01
KL34-07 282.5 284.7 0.0123 123 0.05 0.8 1380 197 26 21 1 1 0.5 2.9 17 0.01
KL34-07 284.7 287.4 0.0079 79 0.03 0.5 440 120 19 10 0.01 1 0.4 1.5 15 0.01
KL34-07 287.4 290.2 0.0103 103 0.02 0.1 210 81 19 23 0.01 1 0.6 0.8 15 0.01
KL34-07 290.2 293 0.0126 126 0.02 0.7 297 122 33 17 0.01 1 1.1 2.4 16 0.01
KL34-07 293 296.2 0.0129 129 0.05 0.7 295 200 26 20 0.01 1 0.9 1.0 18 0.01
KL34-07 296.2 299.8 0.01 100 0.03 0.5 250 116 22 28 0.01 1 1 1.3 15 0.01
KL34-07 299.8 302.2 0.012 120 0.18 1.3 1380 530 41 21 0.01 1 1.5 3.2 15 0.01
KL34-07 302.2 305.7 0.0227 227 0.04 2.6 190 470 22 26 6 2 0.8 3.4 15 0.01
KL34-07 305.7 308.3 0.0109 109 0.11 0.6 356 171 34 70 0.01 1 1.3 1.7 16 0.01
KL34-07 308.3 310.7 0.0121 121 0.08 0.6 243 312 24 15 1 1 0.9 0.9 14 0.01
KL34-07 310.7 312.4 0.0105 105 0.37 1.7 189 800 31 47 2 1 2.6 4.0 17 0.01
KL34-07 312.4 316.3 0.0132 132 0.23 1.6 243 1140 34 20 3 1 3.1 4.4 21 0.01
KL34-07 316.3 319.4 0.0171 171 0.29 1.3 301 293 79 47 5 1 7.1 6.1 22 0.13
KL34-07 319.4 322.5 0.0335 335 0.28 2 2990 1000 82 28 5 2 12.7 5.4 25 0.18
KL34-07 322.5 324.5 0.0163 163 0.15 7.4 2870 1780 63 36 28 1 3.4 8.5 17 0.1
KL34-07 324.5 326.7 0.049 490 0.02 0.1 200 35 23 480 0.01 1 0.6 1.3 15 0.01
KL34-07 326.7 329.7 0.0227 227 0.04 2.6 190 470 22 26 6 2 0.8 3.4 15 0.01
KL34-07 329.7 332.7 0.048 480 0.42 5.2 2200 1740 150 106 19 10 10.4 31.0 51 0.12
KL34-07 332.7 335.7 0.23 2300 0.14 7.6 860 690 58 37 23 2 3.3 6.1 21 0.01
KL34-07 335.7 338.7 0.13 1300 0.1 4.2 510 249 50 40 6 3 3.2 5.4 17 0.01
KL34-07 338.7 341.7 0.032 320 0.07 0.6 129 65 37 7 2 1 1.7 3.6 16 0.01



Appendix V - 260 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-07 341.7 344.7 0.0221 221 0.09 1.1 302 211 38 26 3 1 2.6 4.8 14 0.01
KL34-07 344.7 347.7 0.045 450 0.08 1.7 630 272 49 23 4 1 1.8 4.1 13 0.01
KL34-07 347.7 350.2 0.0118 118 0.09 0.9 196 215 38 16 2 1 1.7 3.3 17 0.01
KL34-07 350.2 353.2 0.0344 344 0.15 2.6 870 1040 54 38 6 1 4.6 8.4 16 0.11
KL34-07 353.2 356.3 0.052 520 0.21 3.7 780 1100 48 36 7 3 6.2 12.1 17 0.1
KL34-07 356.3 359.4 0.0178 178 0.09 2.2 630 1300 33 31 4 1 3.9 12.4 15 0.01
KL34-07 359.4 362.4 0.0175 175 0.05 0.6 420 179 41 23 3 1 1.5 2.8 14 0.01
KL34-07 362.4 365.4 0.02 200 0.07 0.8 530 214 37 42 3 1 2.1 3.6 16 0.01
KL34-07 365.4 368.4 0.0219 219 0.15 1.1 331 490 52 36 3 1 3.3 5.8 17 0.11
KL34-07 368.4 371.5 0.0285 285 0.26 2 480 960 61 45 4 1 5.7 5.8 24 0.18
KL34-07 371.5 374.5 0.041 410 0.13 1 104 80 41 45 6 1 4.5 4.3 17 0.1
KL34-07 374.5 377.6 0.0136 136 0.1 0.7 162 282 37 25 2 1 2.4 2.9 19 0.1
KL34-07 377.6 380.7 0.0277 277 0.15 1.9 620 630 43 36 5 1 3.3 8.4 15 0.1
KL34-07 380.7 383.7 0.0215 215 0.08 0.1 55 36 44 13 1 1 1.8 1.1 16 0.01
KL34-07 383.7 386.7 0.013 130 0.12 0.1 130 94 57 33 2 1 2.7 2.8 21 0.13
KL34-07 386.7 389.7 0.0281 281 0.11 0.1 103 64 64 36 2 1 3.2 1.5 18 0.11
KL34-07 389.7 392.7 0.0115 115 0.08 1.2 870 361 51 9 2 1 1.6 3.5 17 0.22
KL34-07 392.7 395.7 0.0143 143 0.1 0.1 156 84 56 10 2 1 2.3 3.4 18 0.11
KL34-07 395.7 398.7 0.0145 145 0.26 2.3 1970 820 76 18 4 1 7.4 4.8 17 0.3
KL34-07 398.7 401.7 0.0088 88 0.07 0.1 197 45 57 7 0.01 1 1 1.4 15 0.01
KL34-07 401.7 404.7 0.0271 271 0.05 0.1 130 145 41 31 1 1 1 3.8 14 0.1
KL34-07 404.7 407 0.017 170 0.07 0.1 157 146 46 33 1 1 0.9 3.9 15 0.11
KL34-07 407 410.7 0.0139 139 0.05 0.1 268 46 45 14 1 1 1.3 0.9 19 0.01
KL34-07 410.7 413 0.047 470 0.13 1.6 1750 1110 42 16 2 1 1.7 16.0 22 0.01
KL34-07 413 415.3 0.56 5600 1.44 6.3 3960 216 230 440 24 12 2 3.5 32 0.01
KL34-07 415.3 417.4 8.74 87400 10 57 15700 148 2120 652 630 129 6.8 32.5 33 0.01
KL34-07 417.4 419.7 0.27 2700 0.34 4 490 20 120 14 20 2 0.5 1.2 17 0.1
KL34-07 419.7 422.7 0.25 2500 0.29 3.2 430 21 130 131 16 3 0.7 1.3 18 0.01
KL34-07 422.7 425.7 0.045 450 0.16 1.6 1660 1080 80 30 2 1 2.6 20.8 24 0.01
KL34-07 425.7 428.7 0.0218 218 0.08 0.1 235 114 36 12 1 1 0.9 3.5 18 0.01
KL34-07 428.7 431.7 0.069 690 0.1 4.4 7400 2900 35 56 3 1 4 12.5 15 0.01
KL34-07 431.7 434.1 0.0291 291 0.11 3.3 730 1030 47 36 6 1 5.1 8.2 15 0.01
KL34-07 434.1 437.1 0.138 1380 0.22 9.4 11800 5700 45 45 6 3 10.1 16.2 15 0.1
KL34-07 437.1 439.1 0.078 780 0.27 1.3 870 346 30 79 1 1 1.8 3.3 14 0.01
KL34-07 439.1 440.7 0.0165 165 0.05 4.5 2150 1890 25 24 0.01 1 6.3 4.0 14 0.01
KL34-07 440.7 443.7 0.052 520 0.02 1 480 265 21 5 0.01 2 2.7 1.3 13 0.01
KL34-07 443.7 446.7 0.077 770 0.25 1.2 245 124 32 145 1 3 1.9 2.2 14 0.01
KL34-07 446.7 449.7 0.064 640 0.03 3.7 3030 1740 19 8 0.01 1 5.7 3.0 12 0.01
KL34-07 449.7 452.7 0.0075 75 0.06 0.1 55 28 48 7 1 1 1.3 1.3 17 0.01
KL34-07 452.7 455.7 0.006 60 0.02 0.1 39 39 27 4 0.01 1 0.2 1.4 18 0.01
KL34-07 455.7 458.7 0.0347 347 0.02 0.1 64 26 23 335 0.01 1 0.4 0.8 15 0.01
KL34-07 458.7 461.7 0.019 190 0.08 0.1 36 19 35 214 0.01 1 0.9 1.5 15 0.01
KL34-07 461.7 464.7 0.0072 72 0.05 0.1 46 16 53 21 0.01 1 0.8 0.7 17 0.01
KL34-07 464.7 467.7 0.073 730 0.12 0.7 490 25 85 71 1 3 3.5 1.6 16 0.13
KL34-07 467.7 470.7 0.0313 313 0.08 0.1 200 85 85 26 2 2 1.7 1.7 22 0.01
KL34-07 470.7 473.7 0.0237 237 0.06 0.1 205 69 81 25 2 3 1.6 1.0 21 0.01
KL34-07 473.7 476.7 0.0244 244 0.08 2.3 650 1360 35 34 4 3 3.4 10.3 15 0.01
KL34-07 476.7 479.7 0.042 420 0.03 0.1 270 37 73 27 1 1 1.3 1.2 25 0.01
KL34-07 479.7 482.7 0.0143 143 0.05 0.1 91 20 55 31 1 1 0.9 0.6 26 0.01
KL34-07 482.7 485.7 0.1 1000 0.33 1.4 740 34 250 65 0.01 3 2.9 2.0 25 0.13
KL34-07 485.7 488.7 0.0226 226 0.26 0.1 72 25 180 45 0.01 2 2.2 1.1 22 0.01
KL34-07 488.7 491.7 0.12 1200 0.04 0.8 224 54 43 145 3 3 1.1 2.7 24 0.01
KL34-07 491.7 494 0.0156 156 0.02 0.1 85 77 26 20 0.01 1 0.6 0.8 14 0.01
KL34-07 494 497.5 0.0259 259 0.01 0.1 65 19 15 34 0.01 1 0.01 0.6 18 0.01
KL34-07 497.5 500.3 0.0091 91 0.02 0.1 79 70 14 4 0.01 1 0.01 0.5 24 0.01
KL34-07 500.3 503.3 0.0054 54 0.01 0.1 26 16 12 1 0.01 1 0.01 0.0 20 0.01
KL34-07 503.3 506.4 0.008 80 0.01 0.1 43 28 15 11 0.01 1 0.2 1.1 14 0.01
KL34-07 506.4 509.5 0.0311 311 0.02 0.1 236 40 61 24 3 1 0.9 0.9 22 0.01
KL34-07 509.5 512.6 0.016 160 0.01 0.1 313 49 41 12 4 1 0.5 1.3 14 0.01
KL34-07 512.6 515.7 0.0127 127 0.02 0.1 540 30 24 4 0.01 1 0.2 0.0 10 0.01
KL34-07 515.7 518.7 0.0087 87 0.01 0.1 68 23 19 3 0.01 1 0.2 0.7 10 0.01
KL34-08 0 3 0.0267 267 0.01 0.7 206 98 12 5 0.01 1 1.2 1.0 46 0.01
KL34-08 3 6 0.0232 232 0.01 1.4 369 191 21 7 0.01 1 1 1.2 46 0.01



Appendix V - 261 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-08 6 9 0.009 90 0.01 0.5 195 72 12 4 0.01 1 0.8 0.6 40 0.01
KL34-08 9 11.4 0.017 170 0.01 0.6 177 76 11 5 0.01 1 0.9 0.9 27 0.01
KL34-08 11.4 14.5 0.0053 53 0.01 0.8 283 85 14 5 0.01 1 0.8 1.0 24 0.01
KL34-08 14.5 17.6 0.0102 102 0.01 1 208 80 11 12 1 1 2.4 1.0 46 0.01
KL34-08 17.6 20.7 0.0124 124 0.01 0.1 150 46 11 6 0.01 1 1.1 0.7 21 0.01
KL34-08 20.7 23.8 0.0048 48 0.01 0.7 61 30 5 7 0.01 1 0.01 0.8 31 0.01
KL34-08 23.8 26.8 0.0094 94 0.02 0.5 148 57 11 18 0.01 1 1.4 1.0 17 0.01
KL34-08 26.8 29.8 0.0148 148 0.03 0.6 174 94 15 23 1 2 0.7 1.7 22 0.01
KL34-08 29.8 32.8 0.0047 47 0.01 0.7 200 68 11 7 0.01 1 0.6 1.0 29 0.01
KL34-08 32.8 35.8 0.0038 38 0.01 0.5 204 63 16 6 1 1 0.7 0.8 23 0.01
KL34-08 35.8 38.8 0.0126 126 0.01 1.9 321 367 40 10 0.01 3 2 1.7 31 0.01
KL34-08 38.8 41.8 0.02 200 0.04 4.3 5540 1940 48 3 0.01 1 3.4 2.2 26 0.72
KL34-08 41.8 44.8 0.0031 31 0.01 1.3 510 190 19 6 0.01 1 0.7 0.8 27 0.01
KL34-08 44.8 47.8 0.0058 58 0.13 3.2 3820 2420 20 4 0.01 1 1 3.0 28 0.21
KL34-08 47.8 50.8 0.0093 93 0.17 7.2 7300 6300 24 5 0.01 1 12.3 7.3 27 0.27
KL34-08 50.8 53.8 0.0093 93 0.13 3.1 4330 4140 20 5 0.01 1 4.8 1.7 27 0.22
KL34-08 53.8 56.8 0.003 30 0.11 0.7 1160 900 22 6 0.01 1 4 1.5 24 0.14
KL34-08 56.8 59.8 0.0049 49 0.53 2.1 8000 3500 37 6 0.01 1 19 3.9 28 0.46
KL34-08 59.8 62.8 0.002 20 0.06 0.6 251 160 7 6 0.01 1 0.6 1.5 14 0.01
KL34-08 62.8 65.8 0.0017 17 0.02 0.8 530 298 7 3 0.01 1 1 1.0 15 0.01
KL34-08 65.8 68.8 0.0013 13 0.01 1.9 670 830 29 6 0.01 7 1.1 3.5 26 0.01
KL34-08 68.8 71.8 0.0019 19 0.01 0.8 420 378 32 5 0.01 2 0.7 1.2 28 0.1
KL34-08 71.8 74.8 0.0059 59 0.02 2.2 1300 780 26 11 2 2 3.3 4.7 28 0.01
KL34-08 74.8 77.8 0.0149 149 0.01 3.3 3590 2130 28 4 1 1 4.5 2.7 28 0.1
KL34-08 77.8 80.8 0.0023 23 0.01 2.3 354 1670 28 5 0.01 3 2 1.5 27 0.01
KL34-08 80.8 83.8 0.0009 9 0.01 1 127 334 24 9 0.01 2 0.7 1.1 24 0.01
KL34-08 83.8 86.8 0.0029 29 0.02 0.9 305 620 23 6 0.01 1 0.7 1.7 21 0.01
KL34-08 86.8 89.8 0.004 40 0.01 3.3 640 1040 33 138 10 1 1.2 6.5 26 0.01
KL34-08 89.8 92.8 0.0033 33 0.01 2.3 103 167 18 50 19 1 0.8 4.2 21 0.01
KL34-08 92.8 95.8 0.0027 27 0.01 0.9 77 136 16 18 2 1 0.3 1.0 19 0.01
KL34-08 95.8 98.8 0.0052 52 0.01 2.9 730 2920 29 23 2 1 3.1 15.0 35 0.01
KL34-08 98.8 101.8 0.0034 34 0.02 1.6 280 740 43 62 2 1 1 3.8 33 0.01
KL34-08 101.8 104.8 0.0042 42 0.02 2.6 940 1390 100 5 4 3 1.5 4.7 41 0.1
KL34-08 104.8 107.2 0.0039 39 0.01 1 263 362 31 5 0.01 1 1 3.0 27 0.01
KL34-08 107.2 110.5 0.0025 25 0.01 0.8 154 236 13 7 1 1 0.7 3.2 19 0.01
KL34-08 110.5 113.7 0.0058 58 0.01 3.7 520 336 10 18 28 1 0.7 10.2 18 0.01
KL34-08 113.7 116.8 0.0039 39 0.01 1.6 294 289 19 5 7 1 0.7 2.5 27 0.01
KL34-08 116.8 119.8 0.0022 22 0.02 1.5 123 109 37 27 17 1 1 4.7 32 0.01
KL34-08 119.8 122.8 0.0037 37 0.01 1.9 328 450 21 9 2 1 0.7 2.0 16 0.01
KL34-08 122.8 125.8 0.0041 41 0.01 1.8 880 377 20 15 5 1 0.6 3.0 21 0.01
KL34-08 125.8 128.8 0.0094 94 0.01 1 231 93 15 3 4 1 0.5 2.5 32 0.01
KL34-08 128.8 131.8 0.0068 68 0.01 1.2 216 128 31 52 8 1 0.8 3.7 48 0.01
KL34-08 131.8 134.8 0.019 190 0.01 1.5 520 260 41 21 7 2 1.4 4.0 45 0.01
KL34-08 134.8 137.8 0.118 1180 0.02 2.3 227 224 77 73 9 29 3.1 13.2 67 0.01
KL34-08 137.8 140.8 0.0204 204 0.02 1.7 257 396 33 218 4 6 5.6 4.4 115 0.01
KL34-08 140.8 143.8 0.0312 312 0.01 1.5 183 460 42 90 2 3 2.3 1.8 142 0.01
KL34-08 143.8 146.8 0.0283 283 0.02 1.5 144 251 31 81 3 2 2.2 2.2 164 0.01
KL34-08 146.8 148.6 0.48 4800 0.15 7.3 124 630 29 352 32 14 3.8 17.2 156 0.01
KL34-08 148.6 152.5 0.055 550 0.21 7 510 1340 58 281 56 2 16.5 63.3 136 0.01
KL34-08 152.5 155.8 0.134 1340 0.03 3.9 121 266 21 44 9 1 4.8 4.6 73 0.01
KL34-08 155.8 158.8 0.3 3000 0.16 15.8 720 610 110 73 92 4 17.5 7.3 100 0.01
KL34-08 158.8 161.8 0.22 2200 0.09 3.6 265 124 98 133 19 1 11.8 6.0 229 0.01
KL34-08 161.8 164.8 0.54 5400 0.34 7.2 308 186 80 87 22 6 11.3 11.7 213 0.1
KL34-08 164.8 167.6 0.504 5040 0.24 6.6 165 144 68 70 26 6 3.7 11.0 161 0.01
KL34-08 167.6 170.7 0.26 2600 0.1 4.7 76 116 25 76 6 5 1.3 5.0 135 0.01
KL34-08 170.7 173.8 0.127 1270 0.07 5.2 74 338 48 35 18 4 1.4 2.7 124 0.01
KL34-08 173.8 176.8 0.167 1670 0.1 4.2 173 306 44 75 21 4 2.6 4.1 141 0.01
KL34-08 176.8 179.8 0.372 3720 0.16 8.6 174 440 100 118 85 13 3.6 12.2 90 0.01
KL34-08 179.8 182.8 0.082 820 0.06 2.4 102 89 23 310 20 3 2.3 8.5 47 0.01
KL34-08 182.8 185.8 0.128 1280 0.12 2 117 118 58 541 10 4 3.1 7.0 15 0.01
KL34-08 185.8 188.8 0.118 1180 0.18 5.1 1050 480 93 265 62 7 4.3 26.3 96 0.01
KL34-08 188.8 191.8 0.31 3100 0.68 29.1 30000 10900 210 1540 241 6 8.5 93.3 101 0.1
KL34-08 191.8 194.8 0.29 2900 0.16 6.1 9200 1100 200 128 52 4 3.7 15.0 56 0.1



Appendix V - 262 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-08 194.8 197.8 0.15 1500 0.09 3.2 4190 500 310 25 5 2 7.9 6.0 30 0.13
KL34-08 197.8 200.1 0.063 630 0.07 5.3 8100 1560 200 31 18 1 8.4 13.0 26 0.15
KL34-08 200.1 203.1 0.04 400 0.04 5.7 14700 560 17 53 17 1 1.9 10.0 24 0.22
KL34-08 203.1 206.8 0.0395 395 0.12 5.6 29900 580 110 59 19 1 5.9 9.5 48 0.1
KL34-08 206.8 211.2 0.482 4820 0.18 6 4850 197 240 20 10 3 4.7 12.2 49 0.1
KL34-08 211.2 214.9 0.54 5400 0.21 7.5 5800 670 430 16 8 6 23 14.0 52 0.01
KL34-08 214.9 218.2 0.124 1240 0.09 3.3 24900 760 130 15 6 3 13.9 7.0 38 0.12
KL34-08 218.2 221.8 0.66 6600 0.19 7.8 23300 1050 320 21 32 11 25 11.5 65 0.12
KL34-08 221.8 225 0.064 640 0.03 1.8 4650 1050 100 14 4 1 8.8 6.2 30 0.01
KL34-08 225 227.8 0.25 2500 0.17 12 14100 2900 150 33 22 6 11.6 17.0 54 0.01
KL34-08 227.8 231.1 0.56 5600 0.22 18.9 10100 4500 640 40 10 9 16.7 23.8 58 0.16
KL34-08 231.1 235 0.12 1200 0.14 33.9 43600 8100 41 58 141 1 6.4 93.8 29 0.01
KL34-08 235 238.1 0.0218 218 0.05 4.1 3600 2480 29 15 6 1 2.9 16.0 20 0.01
KL34-08 238.1 240.6 0.0206 206 0.08 9 4800 2790 30 34 20 1 1.4 40.9 12 0.01
KL34-08 240.6 244 0.0125 125 0.03 2 1640 690 13 14 7 1 0.2 4.5 16 0.01
KL34-08 244 248.3 0.0342 342 0.06 1.8 1450 520 34 9 4 2 1.5 6.0 21 0.01
KL34-08 248.3 250.9 0.085 850 0.04 8.7 12800 9500 52 10 7 7 6.6 31.5 13 0.01
KL34-08 250.9 254.5 0.0182 182 0.04 1.8 650 313 24 10 4 1 1.5 3.2 15 0.01
KL34-08 254.5 258.3 0.0341 341 0.15 8.7 10900 3100 25 12 50 1 6.3 20.5 19 0.1
KL34-08 258.3 262.1 0.0094 94 0.02 3 980 450 12 20 9 1 1 4.2 16 0.01
KL34-08 262.1 266.3 0.0212 212 0.11 6.3 5940 2480 36 9 50 1 4.2 15.0 16 0.01
KL34-08 266.3 268.8 0.0403 403 0.06 5 1920 1210 64 21 850 1 8.9 12.8 19 0.01
KL34-08 268.8 271.8 0.0296 296 0.04 2 1010 480 51 14 324 2 2.1 6.7 16 0.01
KL34-08 271.8 273.9 0.014 140 0.02 0.9 2950 375 12 9 3 1 1 3.5 14 0.01
KL34-08 273.9 277.1 0.0071 71 0.01 0.1 1230 202 11 12 4 1 1 2.0 15 0.01
KL34-08 277.1 280.2 0.0326 326 0.07 0.9 1350 680 38 10 6 1 2.5 4.0 11 0.01
KL34-08 280.2 283.3 0.0165 165 0.05 1.3 830 500 36 46 143 2 1.6 5.0 16 0.01
KL34-08 283.3 286.3 0.0164 164 0.04 1.6 640 334 31 17 9 1 1.5 2.7 17 0.01
KL34-08 286.3 289.4 0.0112 112 0.02 2.6 830 520 24 16 20 1 1.5 4.2 14 0.01
KL34-08 289.4 292.2 0.0117 117 0.04 1.6 960 550 17 26 48 1 1.1 3.0 16 0.01
KL34-08 292.2 296.2 0.0135 135 0.05 7.9 1950 990 15 16 32 1 0.6 5.5 13 0.01
KL34-08 296.2 299.8 0.0285 285 0.15 3 1790 540 61 25 5 2 1.7 9.3 18 0.01
KL34-08 299.8 301.8 0.045 450 0.11 5.7 7100 6300 33 8 5 2 12 12.0 20 0.01
KL34-08 301.8 304.8 0.412 4120 0.22 4.1 2480 530 100 10 10 8 4.1 6.0 23 0.01
KL34-08 304.8 307.8 0.26 2600 0.19 4.9 1030 480 55 12 5 6 3.4 6.8 19 0.01
KL34-08 307.8 310.8 0.163 1630 0.6 5 6500 302 37 332 37 21 3.4 8.1 38 0.01
KL34-08 310.8 313.8 0.023 230 0.29 1.2 219 73 36 1310 8 4 0.7 2.3 25 0.01
KL34-08 313.8 316.8 0.0148 148 0.12 2.6 155 232 21 287 8 3 1 3.0 28 0.01
KL34-08 316.8 319.8 0.59 5900 0.72 3.8 296 207 69 191 11 26 4 9.8 57 0.01
KL34-08 319.8 322.8 1.4 14000 0.91 13.8 1310 384 38 85 5 86 3.6 13.5 50 0.01
KL34-08 322.8 325.8 1.15 11500 1 16.9 2090 720 58 104 76 60 6.6 11.5 42 0.01
KL34-08 325.8 328.8 0.94 9400 0.78 19 7900 560 75 401 38 89 3.1 13.0 21 0.01
KL34-08 328.8 331.8 1.31 13100 1.02 35.8 12000 1010 34 320 91 48 0.6 15.5 33 0.01
KL34-08 331.8 334.8 0.498 4980 0.62 12.9 4450 730 42 353 62 40 1.6 11.0 25 0.01
KL34-08 334.8 337.8 0.194 1940 0.38 6.1 16100 163 38 29 17 41 1.5 8.5 20 0.01
KL34-08 337.8 340.8 0.31 3100 0.48 7.7 18900 209 59 32 38 11 1.1 15.5 30 0.01
KL34-08 340.8 343.8 0.85 8500 1.46 24.6 12900 168 42 142 40 82 2.9 20.0 57 0.01
KL34-08 343.8 346.8 1.05 10500 0.73 24.1 1260 314 35 521 17 21 2 22.5 52 0.01
KL34-08 346.8 349.8 0.31 3100 0.43 5.8 1230 337 110 14 7 36 1.9 6.5 24 0.01
KL34-08 349.8 352.8 1.27 12700 1.31 9.3 9300 316 100 36 62 33 1.5 60.5 33 0.01
KL34-08 352.8 355.8 1.62 16200 1.99 4.6 105 83 36 19 64 12 0.6 106.0 36 0.01
KL34-08 355.8 360.8 1.06 10600 1.88 4 209 102 42 17 46 12 0.5 102.5 34 0.01
KL34-08 360.8 363.8 0.64 6400 1.54 3.8 368 146 60 21 70 15 0.3 100.0 42 0.01
KL34-08 363.8 365.8 1.08 10800 1.63 5.8 820 176 31 14 76 15 0.2 120.0 39 0.01
KL34-08 365.8 369.7 2.56 25600 1.33 9.7 3500 560 12 2 21 72 2.4 30.0 119 0.01
KL34-08 369.7 373.4 1.72 17200 1.21 17.8 5600 920 25 2 26 38 0.6 33.0 138 0.01
KL34-08 373.4 376.4 2.28 22800 1.43 4.9 162 45 15 4 19 37 0.4 35.0 184 0.01
KL34-08 376.4 379.4 2.61 26100 2.01 10.3 450 171 13 85 3 37 2.4 48.0 191 0.01
KL34-08 379.4 382.7 1.43 14300 1.01 27.7 410 670 32 68 9 15 4.5 23.0 126 0.01
KL34-08 382.7 385.8 1.09 10900 0.26 9.2 2130 1450 28 338 2 10 2.5 9.5 126 0.28
KL34-08 385.8 388.8 0.59 5900 0.3 2.7 850 348 9 189 4 9 0.6 16.0 65 0.01
KL34-08 388.8 391.8 0.64 6400 0.34 2.9 278 226 4 139 2 12 0.5 10.0 66 0.01
KL34-08 391.8 394.8 0.67 6700 0.33 2.8 91 31 6 79 2 10 0.3 6.8 77 0.01



Appendix V - 263 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-08 394.8 397.8 0.26 2600 0.22 3.1 264 231 16 197 10 3 0.8 3.8 79 0.01
KL34-08 397.8 400.8 0.68 6800 0.29 2.2 185 101 5 42 3 10 0.3 6.0 73 0.01
KL34-08 400.8 403.8 0.67 6700 0.32 3.1 329 145 20 80 4 11 1.3 6.8 50 0.01
KL34-08 403.8 406.8 0.511 5110 0.26 3 760 316 5 29 3 10 1 4.8 113 0.01
KL34-08 406.8 409.8 0.34 3400 0.22 2.3 192 97 7 18 2 7 0.7 2.8 87 0.01
KL34-08 409.8 412.8 0.62 6200 0.28 1.6 95 16 2 28 1 9 0.01 4.9 100 0.01
KL34-08 412.8 415.8 0.461 4610 0.26 1.1 104 18 2 10 1 10 0.2 5.3 104 0.01
KL34-08 415.8 418.8 0.474 4740 0.39 1.5 309 22 6 15 2 12 0.01 5.5 99 0.01
KL34-08 418.8 421.8 0.354 3540 0.34 1.8 116 45 5 58 1 11 0.01 6.1 97 0.01
KL34-08 421.8 424.8 0.421 4210 0.28 1.5 99 17 2 18 1 10 0.01 3.8 97 0.01
KL34-08 424.8 427.8 0.64 6400 0.45 1.9 100 26 3 17 2 12 0.01 4.0 108 0.01
KL34-08 427.8 430.8 0.6 6000 0.37 1.5 62 9 1 18 0.01 10 0.6 3.8 92 0.01
KL34-08 430.8 433.8 0.92 9200 0.74 1.7 57 26 1 21 0.01 10 0.2 3.5 104 0.01
KL34-08 433.8 436.8 0.61 6100 0.36 1.5 65 27 1 10 0.01 12 0.01 3.8 89 0.01
KL34-08 436.8 439.8 0.95 9500 0.51 1.7 1080 74 4 7 0.01 11 0.01 5.4 109 0.01
KL34-08 439.8 442.8 1.44 14400 0.92 2.7 120 40 1 28 0.01 15 0.01 8.5 90 0.01
KL34-08 442.8 445.8 1.18 11800 0.58 2.3 98 24 2 12 0.01 16 0.01 7.0 81 0.01
KL34-08 445.8 448.8 1.45 14500 0.85 2.2 78 36 2 7 0.01 16 0.2 10.0 113 0.01
KL34-08 448.8 452.7 1.74 17400 0.77 3 115 18 0.01 67 1 15 0.01 7.5 52 0.01
KL34-08 452.7 454.8 1.05 10500 0.45 1.5 73 30 1 10 0.01 10 0.01 6.5 59 0.01
KL34-08 454.8 457.8 0.6 6000 0.14 1.7 46 57 1 41 1 4 0.4 3.0 197 0.01
KL34-08 457.8 460.8 0.379 3790 0.08 2 22 19 0.01 104 2 2 0.01 1.8 235 0.01
KL34-08 460.8 463.8 0.447 4470 0.16 4.1 69 82 8 59 5 3 1.5 2.8 76 0.01
KL34-08 463.8 466.8 0.69 6900 0.33 7.8 131 77 5 50 27 4 4.4 3.3 250 0.01
KL34-08 466.8 469.8 0.184 1840 0.33 3.4 450 1090 470 60 4 4 2.5 5.3 219 0.01
KL34-08 469.8 472.8 0.411 4110 0.31 2.9 292 76 5 40 2 3 2.1 4.3 225 0.01
KL34-08 472.8 474.8 0.434 4340 0.5 2.7 35 43 5 48 10 9 2.8 4.3 167 0.01
KL34-08 474.8 477.8 1.04 10400 0.58 3.5 30 24 3 36 7 6 0.4 6.0 29 0.01
KL34-08 477.8 480.8 0.281 2810 0.52 4.6 39 54 1 37 7 10 0.6 8.4 198 0.01
KL34-08 480.8 483.8 0.458 4580 0.12 4.8 560 620 48 17 50 7 1.9 6.5 202 0.01
KL34-08 483.8 486.8 0.22 2200 0.42 5.8 3070 3020 540 82 3 1 7 2.3 298 0.01
KL34-08 486.8 489.8 0.33 3300 0.18 2.6 660 590 420 54 5 3 4.4 3.5 262 0.01
KL34-08 489.8 492.8 0.3 3000 0.16 2.1 45 75 18 87 3 2 7.3 3.7 276 0.01
KL34-08 492.8 495.8 0.372 3720 0.16 2.4 220 78 33 24 1 1 1.4 4.8 40 0.01
KL34-08 495.8 498.8 0.535 5350 0.29 1.7 181 75 8 23 5 3 1.3 3.7 264 0.01
KL34-08 498.8 501.8 0.27 2700 0.23 1.1 21 13 1 36 2 2 0.01 2.8 263 0.01
KL34-08 501.8 504.8 0.404 4040 0.38 1.4 22 20 2 33 4 2 0.01 2.5 254 0.01
KL34-08 504.8 507.8 0.75 7500 0.52 1.9 40 41 10 41 3 4 3.4 2.3 228 0.01
KL34-08 507.8 510.8 0.421 4210 0.51 1.7 27 17 2 56 3 3 0.9 3.5 70 0.01
KL34-08 510.8 513.8 0.23 2300 0.2 0.9 17 12 1 46 2 3 0.2 1.8 88 0.01
KL34-08 513.8 516.8 0.27 2700 0.2 1.1 23 29 20 35 2 5 10.5 4.5 228 0.01
KL34-08 516.8 519.8 0.33 3300 0.49 0.8 26 24 8 20 2 3 4.7 2.5 321 0.01
KL34-08 519.8 522.8 0.24 2400 0.15 0.8 21 34 11 16 1 1 0.01 2.3 140 0.01
KL34-08 522.8 526.2 0.33 3300 0.4 0.9 29 27 5 15 3 2 0.01 3.1 219 0.01
KL34-09 0 4 0.0041 41 0.01 0.1 122 46 4 3 0.01 1 0.9 0.9 24 0.01
KL34-09 4 6.9 0.0162 162 0.02 0.1 128 63 5 5 0.01 1 1.7 1.8 26 0.01
KL34-09 6.9 10.4 0.0102 102 0.03 0.1 208 88 10 6 0.01 1 2.4 2.1 28 0.01
KL34-09 10.4 13.2 0.0077 77 0.04 0.1 216 91 13 7 0.01 1 2.6 1.8 31 0.01
KL34-09 13.2 17.2 0.0087 87 0.02 0.1 102 40 11 4 0.01 1 0.7 1.0 21 0.01
KL34-09 17.2 20.7 0.0061 61 0.01 0.1 216 85 5 6 0.01 1 0.3 0.9 20 0.01
KL34-09 20.7 23.7 0.0353 353 0.03 0.1 231 109 7 5 0.01 1 1 1.1 23 0.01
KL34-09 23.7 26.7 0.0041 41 0.01 0.1 191 110 6 4 0.01 1 1.2 1.3 27 0.01
KL34-09 26.7 29.3 0.0084 84 0.02 0.1 175 91 6 4 0.01 1 0.4 0.9 25 0.01
KL34-09 29.3 32.4 0.0042 42 0.03 0.1 161 60 6 3 0.01 1 0.7 1.3 18 0.01
KL34-09 32.4 34.4 0.0029 29 0.02 0.1 168 73 7 4 0.01 1 0.3 1.3 16 0.01
KL34-09 34.4 37.1 0.0049 49 0.09 1.1 266 120 28 6 0.01 1 2.2 3.8 76 0.01
KL34-09 37.1 39.4 0.0128 128 0.02 1 400 364 10 3 1 1 0.8 1.1 35 0.01
KL34-09 39.4 42.8 0.0145 145 0.05 0.8 287 187 11 5 1 1 0.5 1.1 34 0.01
KL34-09 42.8 45.4 0.0097 97 0.04 0.1 125 72 5 2 0.01 1 0.5 0.8 30 0.01
KL34-09 45.4 47.7 0.0138 138 0.02 0.1 117 32 10 3 0.01 1 0.5 0.7 34 0.01
KL34-09 47.7 50.7 0.0051 51 0.02 0.1 342 326 14 5 0.01 1 0.6 3.2 21 0.01
KL34-09 50.7 53.7 0.0046 46 0.07 0.1 157 63 11 2 0.01 1 0.6 1.7 19 0.01
KL34-09 53.7 56.7 0.0112 112 0.42 5.6 6500 1600 55 3 1 1 15.3 6.8 22 1.08



Appendix V - 264 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-09 56.7 59.7 0.0347 347 0.03 0.7 229 96 5 4 0.01 1 0.2 1.2 16 0.01
KL34-09 59.7 62.7 0.011 110 0.03 1.1 343 271 19 3 0.01 1 1 1.3 13 0.01
KL34-09 62.7 65.7 0.0108 108 0.03 0.1 322 232 16 4 0.01 1 0.8 1.8 12 0.01
KL34-09 65.7 68 0.0196 196 0.4 4 2780 1300 78 16 1 1 9.8 5.2 18 0.2
KL34-09 68 71.7 0.0173 173 0.03 0.9 394 276 16 2 0.01 1 0.4 1.2 16 0.01
KL34-09 71.7 74.7 0.0096 96 0.03 3.1 1860 2010 28 3 0.01 1 4.3 6.5 19 0.01
KL34-09 74.7 77.7 0.0132 132 0.02 1.1 460 361 11 2 0.01 1 0.6 2.2 19 0.01
KL34-09 77.7 80.7 0.0053 53 0.01 0.8 770 231 10 3 0.01 1 0.3 1.3 14 0.01
KL34-09 80.7 83.7 0.0038 38 0.02 0.9 760 384 9 4 0.01 1 0.3 1.5 15 0.01
KL34-09 83.7 86.7 0.0064 64 0.06 1.7 1480 1000 22 5 0.01 1 1.4 4.0 24 0.01
KL34-09 86.7 89.7 0.0036 36 0.03 1 580 206 14 4 0.01 1 0.5 2.3 21 0.01
KL34-09 89.7 92.7 0.0167 167 0.2 6.7 9100 5600 43 3 5 1 9.8 8.0 17 0.35
KL34-09 92.7 95.4 0.0317 317 0.12 0.9 950 470 10 5 0.01 1 0.8 2.5 17 0.01
KL34-09 95.4 98.5 0.0092 92 0.04 1.2 980 670 21 4 0.01 1 1.5 4.5 35 0.01
KL34-09 98.5 101.6 0.0078 78 0.01 0.1 32 31 12 2 0.01 1 0.01 1.5 34 0.01
KL34-09 101.6 104.7 0.048 480 0.07 0.9 770 420 26 2 0.01 1 0.5 2.0 17 0.01
KL34-09 104.7 107.2 0.0028 28 0.03 0.8 900 590 4 2 0.01 1 0.7 2.1 12 0.01
KL34-09 107.2 110.4 0.0097 97 0.03 0.9 1310 670 5 2 0.01 1 1.9 2.2 13 0.01
KL34-09 110.4 113.5 0.0286 286 0.08 1.2 1450 1120 11 3 0.01 1 1.9 5.4 14 0.01
KL34-09 113.5 116.6 0.0056 56 0.01 0.7 830 510 4 4 0.01 1 0.01 2.1 13 0.01
KL34-09 116.6 119.7 0.0148 148 0.03 1.2 1480 960 10 7 0.01 1 0.3 2.6 31 0.01
KL34-09 119.7 122.5 0.0323 323 0.05 2.8 7600 2500 5 4 0.01 1 2.5 6.5 27 0.1
KL34-09 122.5 125.6 0.0057 57 0.01 0.9 790 590 10 6 0.01 1 1.2 1.3 16 0.01
KL34-09 125.6 128.6 0.008 80 0.01 0.7 620 780 15 8 0.01 1 1.8 2.3 18 0.01
KL34-09 128.6 131.7 0.0084 84 0.01 1.4 750 930 14 8 2 1 1.3 2.4 14 0.01
KL34-09 131.7 133.9 0.0075 75 0.01 0.6 1070 500 8 7 0.01 1 1.2 3.4 14 0.01
KL34-09 133.9 137 0.043 430 0.07 5 2460 2830 110 8 6 1 6 14.4 15 0.01
KL34-09 137 140.1 0.297 2970 0.02 4.1 1950 1350 70 25 6 1 3 11.8 20 0.01
KL34-09 140.1 143.7 0.042 420 0.01 12.8 1670 2400 52 18 31 1 4.8 5.3 17 0.01
KL34-09 143.7 146.7 0.094 940 0.02 5 1600 710 110 30 18 2 5.2 2.2 16 0.01
KL34-09 146.7 149.7 0.0315 315 0.01 3.8 990 500 48 17 10 1 1.4 2.5 17 0.01
KL34-09 149.7 152.7 0.0292 292 0.01 5.3 3340 2360 44 35 15 1 1.3 5.3 15 0.01
KL34-09 152.7 155.7 0.21 2100 0.02 32.2 17100 11600 100 173 54 1 8.5 25.8 19 0.14
KL34-09 155.7 158.4 0.046 460 0.01 2.6 780 860 51 35 7 1 2.2 2.8 16 0.01
KL34-09 158.4 161.1 0.0298 298 0.01 1.6 640 560 67 84 8 1 1.8 1.3 17 0.01
KL34-09 161.1 164.2 0.153 1530 0.09 1.9 910 450 110 293 22 2 2.3 2.5 19 0.01
KL34-09 164.2 167.2 0.082 820 0.02 1.7 600 630 40 603 12 1 1.7 4.0 27 0.01
KL34-09 167.2 170.5 0.282 2820 0.12 2 680 640 100 449 8 6 1.3 3.5 18 0.01
KL34-09 170.5 173.6 0.104 1040 0.02 6.4 8600 6800 96 74 16 1 2.5 4.9 29 0.01
KL34-09 173.6 176.7 0.045 450 0.01 2.4 1190 990 31 440 8 1 1.2 1.7 22 0.01
KL34-09 176.7 179.7 0.066 660 0.03 4.5 3480 2400 50 251 15 1 2.4 5.5 26 0.01
KL34-09 179.7 182.7 0.067 670 0.02 9.4 21200 14100 42 114 13 1 7.8 18.2 24 0.1
KL34-09 182.7 185.7 0.084 840 0.07 2.7 3140 1600 75 112 21 3 1.2 7.8 21 0.01
KL34-09 185.7 188.1 0.085 850 0.02 5.2 2470 2450 81 139 54 2 1.3 15.7 40 0.01
KL34-09 188.1 191.7 0.139 1390 0.06 6.1 1620 2370 48 510 36 4 6.8 12.3 60 0.01
KL34-09 191.7 194.7 0.092 920 0.03 2.7 2090 1350 47 520 23 2 2.5 7.5 54 0.01
KL34-09 194.7 197.5 0.067 670 0.03 1.4 1510 450 70 129 14 1 3.3 4.1 43 0.01
KL34-09 197.5 200.6 0.115 1150 0.06 2 4050 940 100 296 44 4 5.7 13.8 57 0.01
KL34-09 200.6 203.2 0.085 850 0.04 2.4 8300 2700 51 124 40 6 4.3 17.5 44 0.01
KL34-09 203.2 206.7 0.198 1980 0.07 2.7 2500 1320 56 415 33 7 3.3 17.8 58 0.01
KL34-09 206.7 210.1 0.161 1610 0.04 1.6 4050 720 74 99 9 5 1.9 13.0 41 0.01
KL34-09 210.1 213.6 3.1 31000 0.16 33.4 13100 4600 520 173 71 14 10.5 56.0 67 0.1
KL34-09 213.6 215.7 0.79 7900 0.13 7 6300 1000 84 55 15 10 9.3 15.8 50 0.01
KL34-09 215.7 218.7 0.185 1850 0.1 1.7 2780 139 120 7 8 2 1.8 8.8 25 0.01
KL34-09 218.7 221.7 0.059 590 0.05 0.8 1090 630 42 9 6 1 3 10.0 26 0.01
KL34-09 221.7 224.7 0.101 1010 0.03 0.7 1190 104 50 2 13 2 2.3 3.8 30 0.01
KL34-09 224.7 227.7 0.053 530 0.17 0.7 1370 119 120 10 2 3 1.4 3.0 43 0.01
KL34-09 227.7 230.7 0.08 800 0.6 1 1080 85 200 15 1 3 3.3 1.5 38 0.01
KL34-09 230.7 232.8 0.32 3200 0.33 1.1 8000 62 130 14 2 36 2.3 12.5 60 0.01
KL34-09 232.8 235.9 0.166 1660 0.15 1.4 6100 70 120 13 1 24 0.5 4.8 44 0.01
KL34-09 235.9 239 0.154 1540 0.14 1 3020 51 110 11 1 10 0.2 2.3 29 0.01
KL34-09 239 242.1 0.201 2010 0.32 1.4 1520 47 91 81 4 15 1 5.5 124 0.01
KL34-09 242.1 245.2 0.79 7900 0.24 1.8 257 184 27 89 4 16 1 19.3 115 0.01



Appendix V - 265 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-09 245.2 248.4 0.56 5600 0.08 0.7 133 129 7 95 4 15 0.5 17.5 99 0.01
KL34-09 248.4 251.5 0.21 2100 0.18 0.8 134 43 13 88 2 10 0.6 5.5 62 0.01
KL34-09 251.5 253.8 0.459 4590 0.12 1.8 126 65 9 22 3 12 0.6 9.4 68 0.01
KL34-09 253.8 256.8 0.24 2400 0.11 0.9 100 79 14 149 5 17 0.7 3.2 99 0.01
KL34-09 256.8 258.5 0.088 880 0.04 0.1 176 84 9 130 1 12 0.4 4.5 136 0.01
KL34-09 258.5 262.6 0.132 1320 0.07 1.2 285 139 20 75 1 15 0.7 1.9 42 0.01
KL34-09 262.6 265.7 0.22 2200 0.16 5.6 10800 1670 41 42 4 13 6.6 12.4 186 0.01
KL34-09 265.7 268.9 0.22 2200 0.14 2.4 860 319 15 31 4 12 2.1 8.8 54 0.01
KL34-09 268.9 272 0.21 2100 0.11 1.4 283 200 14 34 5 9 1.4 4.0 40 0.01
KL34-09 272 275.1 0.41 4100 0.19 7.8 12000 5600 35 41 3 11 6.9 11.0 115 0.01
KL34-09 275.1 278.7 0.378 3780 0.3 3.7 920 590 31 15 3 15 1.6 6.0 128 0.01
KL34-09 278.7 281.7 0.093 930 0.08 3.6 1320 2530 12 53 1 11 2.8 7.0 98 0.01
KL34-09 281.7 284.7 0.29 2900 0.19 1.7 364 136 28 102 3 17 1.2 7.0 45 0.01
KL34-09 284.7 287.7 0.21 2100 0.17 1.2 245 127 14 54 1 8 0.5 3.0 35 0.01
KL34-09 287.7 290.7 0.28 2800 0.12 1.6 193 133 12 21 3 12 1 6.3 137 0.01
KL34-09 290.7 293.7 0.23 2300 0.11 2.3 55 70 6 4 5 13 0.8 7.5 58 0.01
KL34-09 293.7 296.7 0.39 3900 0.16 4.2 80 127 11 7 5 11 1.3 6.3 21 0.01
KL34-09 296.7 299.7 0.424 4240 0.11 4.6 155 137 20 80 4 12 1 10.8 45 0.01
KL34-09 299.7 302.7 0.67 6700 0.16 6 248 207 15 71 2 38 1.9 11.8 50 0.01
KL34-09 302.7 305.7 0.449 4490 0.11 3.5 145 235 18 97 2 16 0.8 9.0 93 0.01
KL34-09 305.7 308.7 0.56 5600 0.23 20.8 16500 6800 27 102 16 16 5.4 7.5 29 0.01
KL34-09 308.7 311.7 1.01 10100 0.37 18.3 670 610 19 203 13 12 1.7 10.0 66 0.01
KL34-09 311.7 314.7 1.06 10600 0.23 7.3 332 680 30 479 3 10 3 8.0 120 0.01
KL34-09 314.7 316.7 2.57 25700 0.68 4.5 540 126 35 284 2 55 6.9 11.0 110 0.01
KL34-09 316.7 320.7 0.066 660 0.05 0.1 2910 54 43 21 1 14 1.4 1.0 54 0.01
KL34-09 320.7 323.7 0.0345 345 0.01 0.7 480 183 50 224 3 1 0.5 2.3 26 0.01
KL34-09 323.7 326.7 0.219 2190 0.12 1.2 4830 71 58 23 4 20 2.7 3.3 25 0.01
KL34-09 326.7 329.3 0.096 960 0.06 0.8 930 770 30 10 1 5 1 1.8 29 0.01
KL34-09 329.3 331.7 0.32 3200 0.2 1 1310 119 53 6 1 9 1.8 4.3 18 0.01
KL34-09 331.7 333 1.83 18300 0.78 14.6 850 82 150 70 9 28 3.8 30.0 36 0.01
KL34-09 333 335.5 0.35 3500 0.12 2.3 420 213 11 374 1 8 0.01 5.4 52 0.01
KL34-09 335.5 338.7 0.053 530 0.04 0.9 236 151 3 234 1 1 0.3 1.0 31 0.01
KL34-09 338.7 341.1 0.067 670 0.09 0.7 133 108 1 258 0.01 1 0.2 1.5 57 0.01
KL34-09 341.1 343.2 0.59 5900 0.42 4.1 256 121 9 312 3 6 0.2 5.5 21 0.01
KL34-09 343.2 347.1 1.61 16100 0.78 4.1 3200 69 90 65 4 65 2.1 7.0 25 0.01
KL34-09 347.1 349.4 0.83 8300 0.89 4.2 1400 135 210 195 24 40 3 5.0 29 0.01
KL34-09 349.4 351.8 1.52 15200 3.56 12.3 3400 138 180 25 46 56 1.6 28.0 38 0.01
KL34-09 351.8 354.1 3.22 32200 2.42 5.7 730 103 540 129 3 10 4.1 8.0 68 0.01
KL34-09 354.1 356.1 1.75 17500 1.04 2.2 390 54 61 109 3 15 2.3 5.0 28 0.01
KL34-09 356.1 358.8 0.98 9800 1.44 2.4 318 28 200 29 4 18 3.3 4.0 22 0.01
KL34-09 358.8 361.2 1.43 14300 1.3 5.1 1230 228 100 41 30 19 1.2 17.3 63 0.01
KL34-09 361.2 364.3 2.15 21500 1.7 9.7 1220 226 150 29 32 81 3.7 13.0 53 0.01
KL34-09 364.3 366.6 0.86 8600 1.74 3 1590 149 200 27 5 25 2.1 6.8 28 0.01
KL34-09 366.6 369 1.53 15300 2.12 3.2 358 64 180 13 22 19 1.6 18.5 27 0.01
KL34-09 369 372.3 1.95 19500 2.3 6.2 9200 114 38 34 4 15 0.5 24.0 31 0.01
KL34-09 372.3 375 1.22 12200 0.8 11.5 4900 305 14 264 2 19 0.9 26.0 35 0.01
KL34-09 375 377.7 0.71 7100 0.24 5.1 740 214 15 108 2 7 1.3 8.0 75 0.01
KL34-09 377.7 379.8 0.406 4060 0.21 2.9 115 27 2 29 1 7 0.2 4.8 14 0.01
KL34-09 379.8 382.3 0.18 1800 0.1 1.4 90 31 5 35 1 3 0.7 1.8 23 0.01
KL34-09 382.3 384.7 0.21 2100 0.12 1.4 80 31 4 75 0.01 5 0.5 3.0 40 0.01
KL34-09 384.7 388 0.47 4700 0.38 2 165 43 8 176 0.01 7 0.6 3.5 16 0.01
KL34-09 388 389.7 0.3 3000 0.19 0.8 131 34 9 165 0.01 10 0.5 4.8 21 0.01
KL34-09 389.7 392.7 0.33 3300 0.23 0.7 124 35 8 48 0.01 7 0.3 3.3 25 0.01
KL34-09 392.7 395.7 1.54 15400 0.91 1.7 229 11 3 24 0.01 33 0.01 9.0 24 0.01
KL34-09 395.7 398.7 1.29 12900 0.72 1.9 310 16 4 99 0.01 42 0.01 1.0 60 0.01
KL34-09 398.7 401.7 0.459 4590 0.26 0.9 359 68 12 76 0.01 13 0.4 4.5 19 0.01
KL34-09 401.7 404.7 0.321 3210 0.17 1.4 95 45 4 12 0.01 6 0.01 1.3 18 0.01
KL34-09 404.7 406.9 1.28 12800 0.75 1.9 201 15 3 8 0.01 11 0.01 8.5 19 0.01
KL34-09 406.9 410.1 0.489 4890 0.26 1 117 46 1 10 0.01 6 0.01 3.3 13 0.01
KL34-09 410.1 413.2 0.15 1500 0.1 0.1 146 48 4 9 0.01 6 0.01 1.3 17 0.01
KL34-09 413.2 416.3 0.16 1600 0.09 0.1 190 33 3 8 1 11 0.01 1.8 13 0.01
KL34-09 416.3 419.5 0.28 2800 0.15 0.1 134 16 5 13 0.01 10 0.01 1.8 17 0.01
KL34-09 419.5 422.6 0.408 4080 0.19 1.1 97 21 6 5 0.01 8 0.01 3.3 14 0.01



Appendix V - 266 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-09 422.6 425.7 0.28 2800 0.2 0.9 161 26 7 14 0.01 7 0.01 3.8 16 0.01
KL34-09 425.7 428.7 0.435 4350 0.43 1.5 183 26 3 214 0.01 8 0.01 2.8 10 0.01
KL34-09 428.7 431.8 0.81 8100 0.46 2.4 361 12 5 9 0.01 16 0.01 5.8 20 0.01
KL34-09 431.8 434.7 0.91 9100 0.76 3.9 840 13 8 6 1 22 0.2 7.0 14 0.01
KL34-09 434.7 437.7 0.35 3500 0.28 2.4 5400 13 11 5 4 55 1.4 6.5 14 0.01
KL34-09 437.7 440.7 0.3 3000 0.3 1.8 324 8 12 7 1 21 0.8 5.3 14 0.01
KL34-09 440.7 443.7 0.29 2900 0.11 1.3 146 14 2 6 1 3 0.01 2.5 9 0.01
KL34-09 443.7 446.7 0.392 3920 0.41 1 130 10 2 17 0.01 4 0.01 2.8 7 0.01
KL34-09 446.7 449.7 0.1 1000 0.08 0.8 141 8 14 26 0.01 4 0.2 1.8 17 0.01
KL34-09 449.7 452.7 0.115 1150 0.06 0.7 84 13 12 6 0.01 5 0.2 2.8 14 0.01
KL34-09 452.7 455.7 0.141 1410 0.1 0.1 45 9 1 20 0.01 2 0.3 1.5 23 0.01
KL34-09 455.7 458.7 0.21 2100 0.2 1.1 57 13 1 31 0.01 2 0.01 2.3 16 0.01
KL34-09 458.7 461.7 0.22 2200 0.3 1.4 64 15 8 279 6 5 0.5 22.5 87 0.01
KL34-09 461.7 464.7 0.72 7200 0.4 2.7 430 218 16 98 3 38 1.3 24.8 87 0.01
KL34-09 464.7 467.7 0.69 6900 0.59 2.4 136 15 12 89 3 13 0.01 8.3 25 0.01
KL34-09 467.7 470.7 0.35 3500 0.25 1.2 192 53 9 57 0.01 15 0.6 9.3 19 0.01
KL34-09 470.7 473.7 0.81 8100 0.48 2 393 120 4 20 0.01 20 0.01 7.8 34 0.01
KL34-09 473.7 476.7 0.61 6100 0.49 1.1 123 22 5 20 0.01 14 0.2 6.3 30 0.01
KL34-09 476.7 479.7 0.24 2400 0.13 0.9 58 16 3 23 0.01 7 0.01 3.5 24 0.01
KL34-09 479.7 482.7 0.138 1380 0.08 0.1 84 53 2 17 0.01 7 0.01 2.3 29 0.01
KL34-09 482.7 485.7 0.64 6400 0.27 1 64 11 3 16 0.01 9 0.01 6.3 30 0.01
KL34-09 485.7 488.7 0.56 5600 0.22 0.7 123 25 1 28 0.01 15 1.5 5.0 42 0.01
KL34-09 488.7 491.7 1.61 16100 0.57 1.9 127 8 0.01 21 0.01 23 0.01 12.5 32 0.01
KL34-09 491.7 494.7 0.59 5900 0.32 1 100 9 1 18 0.01 20 0.01 4.0 23 0.01
KL34-09 494.7 497.7 1.76 17600 0.97 2.1 120 10 0.01 28 0.01 30 0.01 12.5 28 0.01
KL34-09 497.7 500.7 2.55 25500 1.19 3 128 11 0.01 31 0.01 33 0.01 14.5 17 0.01
KL34-09 500.7 503.7 1.41 14100 0.7 2 127 9 0.01 22 0.01 31 0.01 15.7 22 0.01
KL34-09 503.7 506.7 1.74 17400 0.76 1.7 134 6 0.01 9 0.01 37 0.01 13.5 14 0.01
KL34-09 506.7 509.7 1.05 10500 0.56 1.2 110 9 0.01 24 0.01 31 0.01 8.5 17 0.01
KL34-09 509.7 511.7 0.6 6000 0.29 0.9 84 9 0.01 12 0.01 29 0.01 6.0 16 0.01
KL34-09 511.7 514.7 1.4 14000 0.64 1.5 80 10 0.01 21 0.01 31 0.01 6.0 19 0.01
KL34-09 514.7 517.7 1.23 12300 0.53 1.1 87 5 0.01 83 0.01 29 0.01 10.8 18 0.01
KL34-09 517.7 520.7 1.13 11300 0.53 1.1 93 8 0.01 8 0.01 33 0.01 8.0 18 0.01
KL34-09 520.7 523.7 1.37 13700 0.73 1.4 103 5 0.01 8 0.01 35 0.01 13.0 22 0.01
KL34-09 523.7 526.7 1.35 13500 0.6 1.2 90 7 0.01 6 0.01 37 0.01 11.5 17 0.01
KL34-09 526.7 529.7 0.6 6000 0.34 0.8 48 10 0.01 20 0.01 23 0.01 7.1 117 0.01
KL34-09 529.7 532.7 0.87 8700 0.35 1.1 72 9 3 19 0.01 26 0.01 8.9 63 0.01
KL34-09 532.7 535.7 1.44 14400 1.28 1.3 78 14 0.01 8 0.01 23 0.01 11.5 97 0.01
KL34-09 535.7 538.7 1.29 12900 0.62 0.8 59 7 1 22 0.01 22 0.01 7.5 23 0.01
KL34-09 538.7 541.7 1.63 16300 0.63 1.3 73 5 1 48 0.01 23 0.01 8.5 17 0.01
KL34-09 541.7 544.7 1.18 11800 0.57 1.1 79 6 2 17 0.01 38 0.01 9.0 27 0.01
KL34-09 544.7 547.7 1.4 14000 0.72 1.6 86 7 0.01 27 0.01 50 0.01 5.7 15 0.01
KL34-09 547.7 550.7 1.57 15700 0.73 2 93 5 1 63 0.01 52 0.01 9.5 26 0.01
KL34-09 550.7 553.7 1.61 16100 0.78 2.5 91 8 2 32 0.01 47 0.01 10.0 32 0.01
KL34-09 553.7 556.7 2.34 23400 1.16 2.9 94 5 2 4 0.01 64 0.01 11.0 36 0.01
KL34-09 556.7 559.7 2.13 21300 1.04 2.7 91 9 0.01 110 0.01 48 0.01 11.0 27 0.01
KL34-09 559.7 562.7 1.81 18100 0.89 2.4 96 8 0.01 39 0.01 54 0.01 15.0 31 0.01
KL34-09 562.7 565.7 1.74 17400 0.76 1.8 98 9 0.01 45 0.01 56 0.01 18.2 39 0.01
KL34-09 565.7 568.7 1.07 10700 0.64 1.1 83 8 0.01 70 0.01 53 0.01 9.3 30 0.01
KL34-09 568.7 571.7 1.31 13100 0.75 1.5 87 8 0.01 22 0.01 53 0.01 9.0 40 0.01
KL34-09 571.7 574.7 1.2 12000 0.68 1.4 117 11 1 7 0.01 59 0.01 5.5 28 0.01
KL34-09 574.7 577.7 0.96 9600 0.57 1 135 9 1 34 0.01 48 0.01 4.0 35 0.01
KL34-09 577.7 580.7 1.24 12400 0.71 1.4 189 13 1 39 0.01 56 0.01 7.5 21 0.01
KL34-09 580.7 583.7 1.44 14400 0.94 1.3 274 12 0.01 71 0.01 59 0.01 8.5 43 0.01
KL34-09 583.7 586.7 0.416 4160 0.24 0.7 114 13 0.01 7 0.01 52 0.01 6.8 32 0.01
KL34-09 586.7 589.7 0.21 2100 0.13 0.6 97 10 0.01 28 0.01 48 0.01 4.3 29 0.01
KL34-09 589.7 592.7 0.32 3200 0.24 0.1 520 9 1 12 0.01 61 0.01 5.0 28 0.01
KL34-09 592.7 595.7 0.3 3000 0.18 0.1 110 10 2 25 0.01 43 0.01 4.3 32 0.01
KL34-09 595.7 598.7 0.57 5700 0.36 1 100 18 1 23 0.01 49 0.01 5.3 43 0.01
KL34-09 598.7 601.7 0.85 8500 0.41 1 83 9 0.01 31 1 68 0.01 5.6 33 0.01
KL34-09 601.7 604.7 0.92 9200 0.64 1.5 110 10 0.01 8 0.01 69 0.01 9.8 38 0.01
KL34-09 604.7 607.7 1.07 10700 0.53 1.3 79 6 0.01 32 0.01 70 0.01 10.5 39 0.01
KL34-09 607.7 610.7 1.11 11100 0.63 1.8 87 6 2 4 0.01 58 0.01 10.5 33 0.01



Appendix V - 267 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-09 610.7 613.7 1.03 10300 0.45 1.1 125 8 1 101 2 77 0.01 11.6 68 0.01
KL34-09 613.7 616.7 1.12 11200 0.68 1.3 140 6 2 61 0.01 63 0.01 14.5 60 0.01
KL34-09 616.7 619.7 0.63 6300 0.34 0.9 100 6 1 6 0.01 63 0.01 8.0 61 0.01
KL34-09 619.7 622.1 0.59 5900 0.32 1 109 6 1 22 1 81 0.01 7.6 52 0.01
KL34-09 622.1 625.1 0.96 9600 0.51 1.1 148 8 3 10 0.01 65 0.01 8.8 37 0.01
KL34-09 625.1 628.2 1.3 13000 0.61 2 221 40 0.01 7 1 63 0.01 12.5 36 0.01
KL34-09 628.2 631.3 1.03 10300 0.45 1.2 431 79 0.01 11 0.01 61 0.01 10.0 43 0.01
KL34-09 631.3 634.1 1.43 14300 0.9 2.3 1170 271 0.01 290 1 80 0.01 8.7 54 0.01
KL34-09 634.1 637.3 0.91 9100 0.43 1.1 217 11 0.01 42 1 38 0.01 6.0 51 0.01
KL34-09 637.3 640.4 0.42 4200 0.23 1 192 22 1 105 0.01 46 0.01 4.0 77 0.01
KL34-09 640.4 643.6 0.23 2300 0.16 0.1 195 12 0.01 6 0.01 50 0.01 2.3 52 0.01
KL34-09 643.6 646.7 0.9 9000 0.47 1.4 391 187 1 8 0.01 55 0.01 7.0 23 0.01
KL34-09 646.7 649.7 0.7 7000 0.39 1.1 200 12 0.01 10 0.01 54 0.01 4.0 43 0.01
KL34-09 649.7 652.7 0.61 6100 0.34 1 235 8 0.01 7 0.01 47 0.01 5.0 31 0.01
KL34-09 652.7 655.7 0.64 6400 0.49 1.3 196 6 0.01 16 0.01 82 0.01 9.3 21 0.01
KL34-09 655.7 658.7 1.21 12100 0.7 1.7 285 11 1 8 0.01 76 0.01 9.0 43 0.01
KL34-09 658.7 661.7 0.49 4900 0.25 1.2 234 6 2 220 0.01 46 0.01 7.0 41 0.01
KL34-09 661.7 664.7 0.46 4600 0.22 1 187 8 0.01 11 0.01 65 0.01 6.9 37 0.01
KL34-09 664.7 667.7 0.53 5300 0.21 1.1 193 6 1 6 0.01 54 0.01 7.5 41 0.01
KL34-09 667.7 670.7 0.2 2000 0.11 0.6 154 7 1 6 0.01 64 0.01 5.0 43 0.01
KL34-09 670.7 673.7 0.27 2700 0.15 0.7 168 6 1 9 0.01 49 0.01 4.5 59 0.01
KL34-09 673.7 676.7 0.24 2400 0.16 1 197 8 0.01 12 0.01 68 0.01 6.6 49 0.01
KL34-09 676.7 679.7 1.03 10300 0.47 1.5 3000 1 2 7 0.01 119 0.01 5.3 28 0.01
KL34-09 679.7 682.7 2.76 27600 1.44 4.3 74400 6 1 7 1 347 0.01 33.0 35 0.01
KL34-09 682.7 685.7 1.74 17400 1.01 2.5 1330 1 1 6 0.01 145 0.01 5.0 19 0.01
KL34-09 685.7 688.7 2.46 24600 1.42 3.3 4800 8 0.01 58 0.01 155 0.01 15.0 27 0.01
KL34-09 688.7 691.7 3.95 39500 1.73 5.4 94600 10 2 24 0.01 231 0.01 35.0 53 0.01
KL34-09 691.7 693.3 1.8 18000 0.71 2.9 1600 6 1 22 0.01 124 0.01 18.0 76 0.01
KL34-09 693.3 695.4 0.8 8000 0.29 1.4 460 1 2 9 0.01 36 0.01 5.8 24 0.01
KL34-09 695.4 697.7 0.58 5800 0.25 1.7 205 7 8 16 0.01 18 0.01 4.8 49 0.01
KL34-09 697.7 700.7 0.4 4000 0.15 0.6 200 7 2 22 0.01 12 0.01 4.5 67 0.01
KL34-09 700.7 703.7 0.159 1590 0.05 0.6 111 7 2 41 0.01 9 0.01 2.0 82 0.01
KL34-09 703.7 706.3 0.2 2000 0.06 1.1 158 28 5 181 0.01 7 0.01 1.5 85 0.01
KL34-09 706.3 709.7 0.61 6100 0.2 1.8 150 10 2 38 0.01 16 0.01 6.5 54 0.01
KL34-09 709.7 712.7 0.4 4000 0.22 1.5 162 9 4 36 1 12 0.01 5.5 68 0.01
KL34-09 712.7 716.1 0.7 7000 0.35 2 94 7 3 11 1 10 0.01 5.0 56 0.01
KL34-09 716.1 718.7 0.59 5900 0.22 2.2 95 14 3 48 0.01 11 0.01 5.8 70 0.01
KL34-09 718.7 721.7 0.48 4800 0.23 2 171 30 4 83 1 11 0.3 5.4 74 0.01
KL34-09 721.7 724.7 0.436 4360 0.2 1.5 112 8 7 78 0.01 8 0.01 4.8 59 0.01
KL34-09 724.7 727.7 0.65 6500 0.21 1.6 96 14 4 80 0.01 12 0.01 4.9 129 0.01
KL34-09 727.7 730.7 0.447 4470 0.1 1.2 182 55 47 238 0.01 11 0.2 3.5 185 0.01
KL34-09 730.7 733.7 0.78 7800 0.29 1.9 103 9 3 59 0.01 9 0.01 5.2 102 0.01
KL34-09 733.7 736.7 0.6 6000 0.24 1.3 97 9 0.01 195 0.01 8 0.01 4.5 52 0.01
KL34-09 736.7 739.7 0.56 5600 0.25 1.5 107 12 2 158 0.01 11 0.01 4.5 92 0.01
KL34-09 739.7 742.7 0.72 7200 0.36 2.2 72 9 1 68 2 14 0.01 7.0 79 0.01
KL34-09 742.7 745.7 0.344 3440 0.16 1.2 81 12 1 67 0.01 9 0.01 3.8 38 0.01
KL34-09 745.7 748.7 0.428 4280 0.21 1.4 98 8 1 143 0.01 8 0.01 3.5 32 0.01
KL34-09 748.7 751.7 0.424 4240 0.19 1.2 86 10 1 108 0.01 10 0.01 2.5 54 0.01
KL34-09 751.7 754.7 0.431 4310 0.16 1 88 11 1 280 0.01 7 0.01 4.6 60 0.01
KL34-09 754.7 757.7 0.23 2300 0.1 0.7 72 14 2 258 0.01 8 0.01 4.0 59 0.01
KL34-09 757.7 760.7 0.2 2000 0.11 0.6 51 15 2 138 0.01 6 0.01 3.5 45 0.01
KL34-09 760.7 763.7 0.32 3200 0.13 0.6 77 14 1 225 0.01 6 0.01 3.3 58 0.01
KL34-09 763.7 766.7 0.23 2300 0.09 0.1 76 15 0.01 215 0.01 5 0.01 1.8 33 0.01
KL34-09 766.7 769.7 0.476 4760 0.2 0.9 84 13 1 495 0.01 7 0.01 4.8 25 0.01
KL34-09 769.7 772.7 0.31 3100 0.15 0.5 70 9 0.01 270 0.01 5 0.01 4.0 37 0.01
KL34-09 772.7 775.7 0.23 2300 0.13 0.1 71 10 2 345 0.01 6 0.01 3.8 44 0.01
KL34-09 775.7 778.7 0.28 2800 0.12 0.1 83 12 1 168 0.01 8 0.01 3.5 33 0.01
KL34-09 778.7 781.7 0.3 3000 0.18 0.1 113 12 0.01 110 0.01 8 0.01 3.3 54 0.01
KL34-09 781.7 784.7 0.4 4000 0.19 0.8 75 10 2 64 0.01 10 0.01 3.5 85 0.01
KL34-09 784.7 787.7 0.504 5040 0.26 1.2 80 9 1 70 0.01 14 0.01 5.7 78 0.01
KL34-09 787.7 790.7 0.41 4100 0.17 0.7 76 14 0.01 73 0.01 12 0.01 5.5 63 0.01
KL34-09 790.7 793.7 0.382 3820 0.2 0.6 61 6 0.01 63 0.01 11 0.01 3.0 59 0.01
KL34-09 793.7 796.7 0.387 3870 0.24 0.8 60 6 1 65 0.01 11 0.01 5.8 72 0.01



Appendix V - 268 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-09 796.7 799.7 0.61 6100 0.25 1.5 45 10 1 41 0.01 13 0.01 5.2 122 0.01
KL34-09 799.7 802.7 0.331 3310 0.15 0.8 82 18 1 75 0.01 12 0.01 4.3 91 0.01
KL34-09 802.7 805.7 0.318 3180 0.14 0.7 80 8 1 93 0.01 9 0.01 4.3 82 0.01
KL34-09 805.7 808.7 0.3 3000 0.13 0.7 44 5 1 91 0.01 7 0.01 3.5 85 0.01
KL34-09 808.7 811.7 0.26 2600 0.13 0.6 45 7 1 65 0.01 9 0.01 3.8 72 0.01
KL34-09 811.7 814.7 0.197 1970 0.11 0.6 32 6 1 150 0.01 7 0.01 2.8 68 0.01
KL34-09 814.7 817.7 0.28 2800 0.12 0.9 38 6 0.01 302 0.01 5 0.01 4.0 91 0.01
KL34-09 817.7 820.7 0.24 2400 0.13 0.6 69 5 0.01 110 0.01 7 0.01 3.3 83 0.01
KL34-09 820.7 823.7 0.378 3780 0.23 0.8 52 6 1 100 0.01 8 0.01 5.1 68 0.01
KL34-09 823.7 826.7 0.27 2700 0.15 0.9 36 5 1 73 0.01 6 0.01 5.8 53 0.01
KL34-09 826.7 829.7 0.93 9300 0.36 2.2 65 8 0.01 122 0.01 10 0.01 6.8 48 0.01
KL34-09 829.7 832.1 0.58 5800 0.25 1.5 70 8 1 223 0.01 14 0.01 8.4 60 0.01
KL34-09 832.1 833.9 0.347 3470 0.13 0.9 39 10 1 253 0.01 12 0.01 6.8 41 0.01
KL34-09 833.9 835.7 0.427 4270 0.2 0.8 70 18 1 110 0.01 14 0.01 6.5 54 0.01
KL34-09 835.7 838.7 0.57 5700 0.26 1.2 62 10 2 120 0.01 13 0.01 7.3 81 0.01
KL34-09 838.7 841.7 0.329 3290 0.14 0.8 281 7 1 27 0.01 9 0.01 4.3 80 0.01
KL34-09 841.7 844.7 0.501 5010 0.28 0.9 51 7 1 42 0.01 13 0.01 6.9 38 0.01
KL34-09 844.7 847.7 0.57 5700 0.22 1.4 45 9 1 92 0.01 12 0.01 4.3 72 0.01
KL34-09 847.7 850.7 0.68 6800 0.27 1.4 42 6 2 34 0.01 10 0.01 3.3 76 0.01
KL34-09 850.7 853.7 0.502 5020 0.23 0.9 123 8 1 58 0.01 9 0.01 5.3 42 0.01
KL34-09 853.7 856.7 0.57 5700 0.22 1.2 49 13 2 60 0.01 11 0.6 6.3 47 0.1
KL34-09 856.7 859.7 0.517 5170 0.53 1.3 48 11 7 103 0.01 10 0.3 7.3 56 0.01
KL34-09 859.7 862.7 0.72 7200 0.27 1.8 41 8 2 63 0.01 11 0.4 5.8 89 0.01
KL34-09 862.7 865.7 0.411 4110 0.15 0.9 53 16 2 110 0.01 11 0.4 4.5 46 0.01
KL34-09 865.7 868.7 0.471 4710 0.21 1.4 50 12 2 135 0.01 12 0.2 6.5 67 0.01
KL34-09 868.7 871.7 0.407 4070 0.19 1 46 14 2 58 0.01 11 0.01 4.8 73 0.01
KL34-09 871.7 874.7 0.475 4750 0.23 1.5 41 10 1 54 0.01 11 0.01 5.5 52 0.01
KL34-09 874.7 877.7 0.347 3470 0.2 1 43 12 2 58 0.01 9 0.01 3.5 34 0.01
KL34-09 877.7 880.7 0.327 3270 0.18 1.1 36 8 1 95 0.01 9 0.01 5.5 57 0.01
KL34-09 880.7 883.7 0.513 5130 0.21 1.2 57 10 1 135 0.01 11 0.01 6.5 37 0.01
KL34-09 883.7 886.7 0.433 4330 0.23 1 48 7 0.01 145 0.01 12 0.01 6.3 45 0.01
KL34-09 886.7 889.7 0.523 5230 0.24 1.3 51 10 1 120 0.01 11 0.01 7.5 77 0.01
KL34-09 889.7 892.7 0.56 5600 0.22 1.8 270 124 1 110 1 10 0.01 5.8 76 0.01
KL34-09 892.7 895.7 1.01 10100 0.44 2.3 64 7 1 103 0.01 14 0.01 8.5 64 0.01
KL34-09 895.7 898.7 1.15 11500 0.49 2.8 40 7 1 70 0.01 13 0.01 9.5 80 0.01
KL34-09 898.7 901.7 0.79 7900 0.31 2 48 7 3 225 0.01 16 0.4 5.8 71 0.01
KL34-09 901.7 904.7 1.41 14100 0.55 3 68 8 1 185 0.01 24 0.01 8.5 61 0.01
KL34-09 904.7 907.7 0.54 5400 0.26 1.4 72 11 1 167 0.01 9 0.01 5.5 65 0.01
KL34-09 907.7 910.7 1.01 10100 0.41 2.4 80 14 21 165 2 14 1.4 6.8 59 0.01
KL34-09 910.7 913.7 0.77 7700 0.33 1.8 61 9 11 115 0.01 15 0.01 8.3 56 0.01
KL34-09 913.7 916.7 0.63 6300 0.32 1.5 143 102 17 124 0.01 11 0.7 6.0 80 0.01
KL34-09 916.7 919.7 0.9 9000 0.4 2.7 124 54 48 110 4 21 7 8.6 48 0.01
KL34-09 919.7 921.3 0.67 6700 0.27 1.7 71 24 13 260 0.01 12 1.7 4.0 72 0.01
KL34-09 921.3 922.4 0.64 6400 0.28 1.6 480 378 41 270 0.01 12 0.8 4.3 42 0.01
KL34-09 922.4 925 1.02 10200 0.43 1.9 84 31 12 363 0.01 13 0.8 8.0 70 0.01
KL34-09 925 928.4 0.3 3000 0.15 0.7 139 105 90 130 0.01 9 4.1 3.0 192 0.01
KL34-09 928.4 931.4 0.368 3680 0.17 0.9 34 15 40 80 0.01 6 0.3 3.2 98 0.01
KL34-09 931.4 934.4 0.328 3280 0.14 0.7 151 50 7 63 0.01 6 0.4 2.4 159 0.01
KL34-09 934.4 937.4 0.24 2400 0.11 0.1 251 100 36 105 0.01 4 0.7 1.8 167 0.01
KL34-09 937.4 940.4 0.21 2100 0.08 0.1 21 8 6 155 0.01 5 0.3 1.5 62 0.01
KL34-09 940.4 943.4 0.198 1980 0.09 0.1 21 6 3 148 0.01 3 0.3 1.5 53 0.01
KL34-09 943.4 946.4 0.23 2300 0.1 0.9 59 18 17 68 0.01 5 1.4 1.7 58 0.01
KL34-09 946.4 949.4 0.26 2600 0.07 1.7 156 47 23 94 0.01 2 0.6 2.7 50 0.01
KL34-09 949.4 952.4 0.33 3300 0.15 0.9 92 30 5 132 0.01 6 0.3 3.6 72 0.01
KL34-09 952.4 955.4 0.46 4600 0.24 1.4 62 75 160 90 0.01 5 1.4 2.5 63 0.01
KL34-09 955.4 958.4 0.24 2400 0.18 0.7 197 70 23 41 0.01 5 0.6 1.9 175 0.01
KL34-09 958.4 961.4 0.157 1570 0.05 0.1 142 46 7 29 0.01 2 0.3 1.4 98 0.01
KL34-09 961.4 964.4 0.38 3800 0.19 1 109 33 4 45 0.01 5 0.3 1.6 63 0.01
KL34-09 964.4 967.4 0.54 5400 0.3 1.4 40 13 6 32 0.01 7 0.8 2.8 188 0.01
KL34-09 967.4 970.4 0.69 6900 0.39 1.4 21 6 7 56 0.01 8 0.6 3.2 77 0.01
KL34-09 970.4 973.4 0.62 6200 0.37 1.5 49 12 20 53 0.01 11 1.2 3.5 78 0.01
KL34-09 973.4 975.9 0.69 6900 0.49 1.7 67 15 5 54 0.01 13 0.4 4.0 78 0.01
KL34-09 975.9 979 0.5 5000 0.32 1.2 36 27 6 17 0.01 8 0.4 2.6 96 0.01



Appendix V - 269 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-09 979 982.2 0.53 5300 0.31 1.5 38 13 2 69 0.01 9 0.01 2.8 90 0.01
KL34-09 982.2 985.3 0.68 6800 0.48 1.6 20 8 0.01 64 0.01 10 0.01 2.8 184 0.01
KL34-09 985.3 988.4 0.51 5100 0.36 1.1 25 12 1 28 0.01 8 0.01 2.9 112 0.01
KL34-09 988.4 991.4 0.67 6700 0.52 1.4 79 24 1 67 0.01 11 0.01 3.4 197 0.01
KL34-09 991.4 994.4 0.54 5400 0.38 1.3 24 7 7 23 0.01 11 0.01 3.2 120 0.01
KL34-09 994.4 997.4 0.61 6100 0.45 1.2 28 51 410 26 0.01 10 7.7 3.6 67 0.01
KL34-09 997.4 1000.4 0.42 4200 0.25 1 30 15 15 49 0.01 5 0.2 1.8 163 0.01
KL34-09 1000.4 1003.4 0.45 4500 0.26 0.8 100 26 2 42 0.01 6 0.01 2.4 202 0.01
KL34-09 1003.4 1004.7 0.6 6000 0.34 1.3 82 29 5 46 0.01 8 0.2 2.7 190 0.01
KL34-09 1004.7 1007.8 0.53 5300 0.25 1.4 58 20 12 31 0.01 6 0.6 3.8 184 0.01
KL34-09 1007.8 1010.9 0.59 5900 0.31 1.3 125 15 2 34 0.01 8 0.01 3.2 105 0.01
KL34-09 1010.9 1014 0.5 5000 0.23 1.3 144 44 5 39 0.01 6 0.2 3.2 180 0.01
KL34-09 1014 1017.1 0.54 5400 0.36 1.2 60 16 1 39 0.01 9 0.01 3.4 96 0.01
KL34-09 1017.1 1020.2 0.49 4900 0.31 1.1 49 13 1 36 0.01 9 0.01 2.6 197 0.01
KL34-09 1020.2 1023.3 0.55 5500 0.35 1.1 62 14 3 50 0.01 9 0.7 3.8 86 0.01
KL34-09 1023.3 1026.4 0.65 6500 0.35 1.3 37 1 1 24 0.01 7 0.5 3.0 81 0.01
KL34-09 1026.4 1029.5 0.56 5600 0.31 1.2 23 6 1 60 0.01 7 0.01 3.0 72 0.01
KL34-09 1029.5 1032.6 0.47 4700 0.25 1 26 9 1 32 0.01 8 0.01 2.6 88 0.01
KL34-09 1032.6 1035.7 0.34 3400 0.17 1.1 35 9 3 65 0.01 10 0.4 3.0 166 0.01
KL34-09 1035.7 1038.8 0.56 5600 0.37 1.5 90 23 12 74 0.01 13 0.4 3.8 112 0.01
KL34-09 1038.8 1041.9 0.48 4800 0.24 1.1 25 12 1 75 0.01 13 0.01 3.0 92 0.01
KL34-09 1041.9 1045 0.54 5400 0.36 1.3 46 13 3 41 0.01 10 0.2 3.8 154 0.01
KL34-09 1045 1048.3 0.57 5700 0.38 1.3 27 12 2 65 0.01 11 0.3 4.8 150 0.01
KL34-09 1048.3 1051.4 0.63 6300 0.44 1.4 32 11 1 34 0.01 11 0.01 3.8 97 0.01
KL34-09 1051.4 1054.4 0.63 6300 0.47 1.3 30 10 1 70 0.01 9 0.2 2.6 106 0.01
KL34-09 1054.4 1057.4 0.48 4800 0.24 1.4 122 14 250 66 0.01 9 0.4 2.8 161 0.01
KL34-09 1057.4 1060.4 0.28 2800 0.19 0.7 85 15 14 67 0.01 5 0.6 1.8 83 0.01
KL34-09 1060.4 1063.4 0.178 1780 0.09 0.1 28 10 8 39 0.01 6 0.2 1.5 55 0.01
KL34-09 1063.4 1066.4 0.46 4600 0.35 0.9 23 9 3 43 0.01 5 0.01 2.0 97 0.01
KL34-09 1066.4 1069.4 0.49 4900 0.33 1.2 45 17 9 39 0.01 8 0.2 1.0 221 0.01
KL34-09 1069.4 1072.4 0.46 4600 0.41 1.5 41 21 6 42 0.01 6 0.01 1.0 78 0.01
KL34-09 1072.4 1075.4 0.41 4100 0.33 1.1 30 6 3 27 0.01 7 0.01 1.3 91 0.01
KL34-09 1075.4 1078.4 0.5 5000 0.65 1.4 39 16 42 33 0.01 9 3 1.6 168 0.01
KL34-09 1078.4 1081.4 0.57 5700 0.4 1.4 33 9 34 23 0.01 11 1.2 2.3 215 0.01
KL34-09 1081.4 1083 0.141 1410 0.2 0.6 102 31 3 15 0.01 12 0.01 2.4 77 0.01
KL34-09 1083 1085.6 0.3 3000 0.39 0.9 44 17 12 77 0.01 17 0.01 1.8 203 0.01
KL34-09 1085.6 1087.4 0.43 4300 0.5 1.3 30 12 0.01 25 0.01 10 0.01 1.5 207 0.01
KL34-09 1087.4 1090.4 0.33 3300 0.27 1.1 36 14 0.01 31 0.01 11 0.01 1.5 232 0.01
KL34-09 1090.4 1093.4 0.37 3700 0.33 1 47 18 120 69 0.01 11 2.9 1.7 226 0.01
KL34-09 1093.4 1096.4 0.46 4600 0.37 1.2 43 15 4 63 0.01 7 0.5 1.5 114 0.01
KL34-09 1096.4 1099.4 0.49 4900 0.37 1 34 10 5 30 0.01 10 0.01 1.5 96 0.01
KL34-09 1099.4 1102.4 0.57 5700 0.39 1.4 48 14 27 41 0.01 11 1.1 1.6 104 0.01
KL34-09 1102.4 1105.4 0.7 7000 0.52 1.4 46 14 150 50 0.01 13 8.3 4.5 91 0.01
KL34-09 1105.4 1107.7 0.5 5000 0.4 1.4 42 13 8 33 0.01 12 1 1.3 92 0.01
KL34-09 1107.7 1109.9 0.37 3700 0.23 1.1 45 11 3 43 0.01 13 0.2 2.6 59 0.01
KL34-09 1109.9 1111.4 0.34 3400 0.25 0.8 34 12 120 17 0.01 8 7.3 1.5 86 0.01
KL34-09 1111.4 1113.5 0.48 4800 0.31 0.8 57 18 200 26 0.01 10 11.3 1.8 78 0.01
KL34-09 1113.5 1116.7 0.35 3500 0.31 1.2 76 16 2 82 0.01 11 0.2 1.3 96 0.01
KL34-09 1116.7 1119.8 0.32 3200 0.26 1.4 50 13 0.01 20 0.01 10 0.2 1.1 98 0.01
KL34-09 1119.8 1121 0.58 5800 0.43 2.3 66 23 3 26 0.01 11 0.4 2.0 104 0.01
KL34-09 1121 1122.3 0.21 2100 0.24 1 59 16 0.01 38 0.01 12 0.4 1.1 53 0.01
KL34-09 1122.3 1125.4 0.145 1450 0.13 0.7 62 19 2 18 0.01 11 0.2 1.4 60 0.01
KL34-09 1125.4 1128.5 0.065 650 0.07 0.1 58 10 2 6 0.01 8 0.2 0.0 58 0.01
KL34-09 1128.5 1131.6 0.083 830 0.07 0.1 51 16 24 16 0.01 10 0.6 0.5 37 0.01
KL34-09 1131.6 1134.7 0.108 1080 0.13 0.6 55 17 2 9 0.01 9 0.2 0.0 55 0.01
KL34-09 1134.7 1137.4 0.086 860 0.09 0.1 57 15 2 11 0.01 8 0.2 0.0 47 0.01
KL34-09 1137.4 1140.9 0.163 1630 0.96 1 69 14 1 4 0.01 8 0.2 1.0 65 0.01
KL34-09 1140.9 1144 0.073 730 0.05 0.1 60 16 1 6 0.01 9 0.01 0.5 52 0.01
KL34-09 1144 1146.4 0.083 830 0.11 0.1 68 18 1 5 0.01 7 0.01 0.0 30 0.01
KL34-09 1146.4 1148.6 0.027 270 0.02 0.1 67 17 1 6 0.01 7 0.01 0.5 36 0.01
KL34-09 1148.6 1150.4 0.0296 296 0.03 0.1 73 18 2 6 0.01 6 0.01 0.0 35 0.01
KL34-09 1150.4 1153.4 0.014 140 0.01 0.1 66 12 2 8 0.01 8 0.01 0.0 34 0.01
KL34-09 1153.4 1156.4 0.0187 187 0.01 0.1 79 16 2 11 0.01 9 0.4 0.0 30 0.01



Appendix V - 270 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL34-09 1156.4 1159.5 0.01 100 0.01 0.1 256 58 6 6 1 12 0.6 0.0 48 0.01
KL34-09 1159.5 1162.4 0.0197 197 0.01 0.1 56 16 1 7 0.01 9 0.01 0.0 24 0.01
KL34-09 1162.4 1165.4 0.0232 232 0.01 0.1 60 20 1 4 1 11 0.01 0.0 27 0.01
KL34-09 1165.4 1168.4 0.018 180 0.02 0.1 58 18 1 7 0.01 10 0.01 0.0 21 0.01
KL34-09 1168.4 1171.4 0.009 90 0.01 0.1 60 20 0.01 3 0.01 10 0.01 0.0 45 0.01
KL34-09 1171.4 1174.4 0.0164 164 0.03 0.1 53 34 2 8 0.01 11 0.3 0.0 23 0.01
KL34-09 1174.4 1177.4 0.0114 114 0.08 0.1 51 16 1 15 0.01 13 0.01 0.0 25 0.01
KL34-09 1177.4 1180.4 0.0159 159 0.01 0.1 42 20 1 11 0.01 12 0.01 0.0 54 0.01
KL34-09 1180.4 1183.4 0.0194 194 0.02 0.1 64 21 1 21 0.01 9 0.01 0.0 50 0.01
KL34-09 1183.4 1186.4 0.0152 152 0.01 0.1 58 16 0.01 8 0.01 8 0.01 0.0 28 0.01
KL34-09 1186.4 1189.4 0.0225 225 0.01 0.1 54 27 3 10 0.01 9 0.01 0.6 43 0.01
KL34-09 1189.4 1192.4 0.0131 131 0.01 0.1 48 17 0.01 2 0.01 8 0.01 0.0 24 0.01
KL34-09 1192.4 1195.4 0.0176 176 0.01 0.1 56 13 2 2 0.01 12 0.01 0.6 23 0.01
KL34-09 1195.4 1198.4 0.015 150 0.01 0.1 55 12 1 2 0.01 6 0.01 0.0 27 0.01
KL34-09 1198.4 1201.4 0.0053 53 0.01 0.1 53 14 1 2 0.01 6 0.01 0.0 48 0.01
KL34-09 1201.4 1204.4 0.068 680 0.12 0.1 54 13 1 10 0.01 13 0.01 0.6 26 0.01
KL34-09 1204.4 1207.4 0.0221 221 0.01 0.1 55 15 3 7 1 13 0.01 1.0 36 0.01
KL34-09 1207.4 1210.4 0.0104 104 0.01 0.1 44 6 0.01 7 0.01 9 0.01 0.0 48 0.01
KL34-09 1210.4 1213.4 0.0165 165 0.01 0.1 44 13 1 9 0.01 9 0.01 0.0 43 0.01
KL34-09 1213.4 1216.4 0.0226 226 0.01 0.1 43 7 1 7 0.01 10 0.01 0.0 29 0.01
KL34-09 1216.4 1219.4 0.0086 86 0.01 0.1 51 12 2 4 0.01 8 0.01 0.0 55 0.01
KL34-09 1219.4 1222.4 0.0114 114 0.01 0.1 36 10 1 2 0.01 8 0.01 0.0 37 0.01
KL34-09 1222.4 1225.4 0.183 1830 0.22 0.1 119 13 0.01 6 0.01 10 0.01 1.0 47 0.01
KL34-09 1225.4 1227 0.0129 129 0.01 0.1 40 8 2 9 0.01 12 0.01 0.0 43 0.01
KL34-09 1227 1229.4 0.0123 123 0.01 0.1 51 9 2 10 0.01 10 0.01 0.0 46 0.01
KL36-01 0 3 0.0011 11 0.03 0.1 237 101 3 8 0.01 1 1.2 2.3 19 0.01
KL36-01 3 6.7 0.0012 12 0.05 0.5 185 59 4 4 0.01 1 1.2 2.5 18 0.01
KL36-01 6.7 10.1 0.002 20 0.06 0.7 356 139 10 9 1 1 1.9 2.8 20 0.01
KL36-01 10.1 13.1 0.0057 57 0.1 0.6 310 76 7 4 0.01 1 2.2 2.0 21 0.01
KL36-01 13.1 16.1 0.001 10 0.1 0.8 410 183 4 3 0.01 1 2 2.8 35 0.01
KL36-01 16.1 19.1 0.0007 7 0.14 0.7 364 178 5 3 0.01 1 2 3.0 28 0.01
KL36-01 19.1 22.1 0.0005 5 0.23 1.1 610 268 8 3 0.01 1 2.4 2.8 38 0.1
KL36-01 22.1 25.1 0.0012 12 0.23 0.9 650 330 4 4 0.01 1 3 2.3 34 0.22
KL36-01 25.1 28.1 0.0007 7 0.26 0.9 490 176 4 2 0.01 1 3.1 2.3 55 0.1
KL36-01 28.1 31.1 0.0008 8 0.17 1.2 423 112 11 6 0.01 1 2.6 2.3 26 0.01
KL36-01 31.1 34.1 0.0007 7 0.1 1.1 311 122 19 10 0.01 1 2.3 2.0 23 0.01
KL36-01 34.1 37.1 0.0005 5 0.09 0.8 191 75 1 3 0.01 1 2.3 1.8 34 0.01
KL36-01 37.1 40.1 0.0011 11 0.34 1.5 910 275 18 4 0.01 1 3.7 2.9 24 0.2
KL36-01 40.1 43.1 0.0012 12 0.16 1 1240 214 30 7 0.01 1 5.5 1.8 33 0.1
KL36-01 43.1 46.1 0.0006 6 0.12 0.8 440 113 26 6 0.01 1 3.6 2.0 34 0.1
KL36-01 46.1 49.1 0.002 20 0.18 1.1 770 220 15 4 0.01 1 4.3 2.5 20 0.21
KL36-01 49.1 52.1 0.0005 5 0.21 1 910 183 9 2 0.01 1 2.3 3.0 22 0.24
KL36-01 52.1 55.1 0.0003 3 0.15 0.9 370 85 9 2 0.01 1 2 2.5 23 0.01
KL36-01 55.1 58.1 0.0008 8 0.11 0.7 141 48 8 3 0.01 1 1.7 2.0 27 0.01
KL36-01 58.1 61.1 0.0011 11 0.09 0.8 128 32 5 4 0.01 1 1.6 2.0 28 0.01
KL36-01 61.1 64.1 0.0014 14 0.19 0.7 226 51 9 3 0.01 1 2.9 2.0 29 0.01
KL36-01 64.1 67.1 0.0017 17 0.2 1.3 186 117 16 2 0.01 1 7.1 3.0 32 0.11
KL36-01 67.1 70.1 0.0053 53 0.29 1 174 53 10 5 0.01 1 3.4 9.0 47 0.1
KL36-01 70.1 73.1 0.0048 48 0.19 1.1 414 130 9 3 0.01 1 5.1 4.5 26 0.15
KL36-01 73.1 76.1 0.0307 307 0.62 7.5 13600 5700 43 8 0.01 1 16.6 98.0 81 0.41
KL36-01 76.1 79.1 0.05 500 0.18 20.1 16700 13000 98 6 1 1 39 192.0 72 1.09
KL36-01 79.1 82.1 0.0281 281 0.17 12.8 8000 7200 69 8 1 1 26 118.0 37 0.51
KL36-01 82.1 85.1 0.0012 12 0.08 0.6 247 112 9 3 0.01 1 4.2 2.8 36 0.01
KL36-01 88.1 91.1 0.0057 57 0.25 1.7 1280 620 29 9 0.01 1 18 3.8 24 0.24
KL36-01 91.1 94.1 0.0016 16 0.19 0.1 372 129 22 2 0.01 1 4 3.0 28 0.01
KL36-01 94.1 97.1 0.0052 52 0.38 4.3 1400 2450 94 3 9 3 18.5 43.2 44 0.1
KL36-01 97.1 100.1 0.003 30 0.36 1.5 2800 580 150 11 1 2 22 9.5 95 0.26
KL36-01 100.1 103.1 0.0167 167 0.43 2.8 4560 950 150 19 3 3 34 10.0 105 0.68
KL36-01 103.1 106.1 0.0067 67 0.39 6.5 5300 1620 88 15 5 3 20 8.3 103 0.46
KL36-01 106.1 107.9 0.0301 301 0.85 15.3 23500 8200 130 12 7 6 20 34.5 48 1.36
KL36-01 107.9 112.1 0.33 3300 1.28 28.5 16600 15200 1240 192 29 4 70 26.2 134 1.8
KL36-01 112.1 115.1 0.57 5700 1.01 6.5 3400 470 1890 180 32 1 134 13.3 151 1.6
KL36-01 115.1 118.1 0.0417 417 0.16 1.4 900 148 120 57 7 1 16.6 6.3 156 0.14



Appendix V - 271 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-01 118.1 121.1 0.0305 305 0.09 3.8 1700 750 59 85 34 1 14.3 7.0 26 0.16
KL36-01 121.1 127.1 0.066 660 0.12 10.3 3550 2980 150 53 88 1 10.9 7.3 38 0.34
KL36-01 127.1 130.1 0.19 1900 0.09 7.7 890 395 400 347 46 1 22 6.5 37 0.19
KL36-01 130.1 133.1 0.0176 176 0.7 13.2 5900 3120 250 239 24 3 13.1 10.0 95 0.33
KL36-01 133.1 136.1 0.0183 183 0.73 13.4 6400 3100 290 169 22 1 12.6 9.5 103 0.35
KL36-01 136.1 139.1 0.0081 81 1.12 6.7 3880 1660 270 304 8 1 11.5 7.5 138 0.24
KL36-01 139.1 145.1 0.0091 91 0.96 5.4 6600 1810 260 686 6 3 10.6 12.8 200 0.23
KL36-01 145.1 148.1 0.0134 134 2.84 8.3 22900 1230 420 4410 670 9 18.8 64.0 117 0.7
KL36-01 148.1 151.1 0.017 170 1.53 5.1 7600 1470 310 1610 16 5 12.9 21.0 40 0.5
KL36-01 151.1 154.1 0.051 510 1.12 45 36300 17600 210 3180 71 5 17.8 70.0 299 1.3
KL36-01 154.1 157.1 0.044 440 0.71 19.5 9400 6000 46 77 14 1 22 44.0 33 0.5
KL36-01 157.1 160.1 0.0114 114 0.25 4.6 3310 1440 20 45 4 1 4.3 10.7 21 0.21
KL36-01 160.1 163.1 0.0058 58 0.11 2.5 1530 670 8 32 3 1 2.5 4.3 21 0.14
KL36-01 163.1 166.1 0.0059 59 0.14 5.3 1380 1710 7 28 9 1 8 14.9 25 0.19
KL36-01 166.1 169.1 0.0052 52 0.12 4.7 670 700 7 30 14 1 18.5 4.5 21 0.1
KL36-01 169.1 172.1 0.0056 56 0.3 3.2 1950 1230 15 42 3 1 11 7.3 25 0.4
KL36-01 172.1 175.1 0.0051 51 0.36 4.3 2050 730 11 124 6 1 16.8 5.5 32 0.61
KL36-01 175.1 178.1 0.051 510 1.61 29.2 15600 8700 150 80 12 2 60 42.0 27 1.8
KL36-01 178.1 181.1 0.0084 84 0.28 4 1610 670 39 81 4 1 16.2 5.8 33 0.42
KL36-01 181.1 184.2 0.0161 161 0.27 5.3 2090 1070 49 30 6 1 22 5.5 32 1.07
KL36-01 184.2 188.1 0.06 600 1.04 19.2 9700 7000 230 59 20 4 28 31.3 46 1.56
KL36-01 188.1 191.6 0.0194 194 2.3 7.5 3690 1910 140 90 8 3 16.3 16.8 36 0.98
KL36-01 191.6 194.6 0.058 580 2.22 17 8700 5600 190 1250 49 6 38 34.0 35 1.76
KL36-01 194.6 197.6 0.055 550 0.82 16.6 9100 2200 170 392 48 5 20 23.5 48 0.34
KL36-01 197.6 201.6 0.056 560 0.41 11.5 4300 1790 140 162 18 2 82 17.8 28 0.31
KL36-01 201.6 204.6 0.087 870 1.54 18.4 19400 1760 350 342 56 18 18 64.0 71 0.2
KL36-01 204.6 207.6 0.64 6400 2.97 34 50900 4100 660 1570 116 72 28 232.0 59 0.13
KL36-01 207.6 210.6 0.067 670 0.38 4.5 4700 2300 52 150 4 6 11.3 18.6 36 0.01
KL36-01 210.6 213.6 0.026 260 0.64 6.5 4900 1400 52 98 17 5 4.8 24.5 31 0.12
KL36-01 213.6 216.6 0.09 900 1.27 55 21800 36200 130 196 16 5 60 189.0 50 0.13
KL36-01 216.6 219.6 0.045 450 0.59 50 38500 32300 72 46 6 3 44 233.0 28 0.01
KL36-01 219.6 222.6 0.0299 299 0.32 31.1 17600 13900 40 66 4 2 22 142.0 25 0.01
KL36-01 222.6 229.6 0.099 990 1.03 56 17200 15700 200 283 15 5 34 134.0 91 0.64
KL36-01 229.6 232.6 0.0399 399 0.56 19.7 7300 2070 110 135 12 6 15.2 30.0 34 0.19
KL36-01 232.6 238 0.187 1870 0.42 13.6 7700 2200 320 205 26 9 20 27.0 30 0.17
KL36-01 238 241.9 0.0064 64 0.32 2 590 318 24 20 1 3 3.3 7.0 24 0.01
KL36-01 241.9 244.7 0.0037 37 0.65 1.8 345 175 42 16 0.01 4 6.2 7.3 28 0.1
KL36-01 244.7 247.2 0.0027 27 0.05 0.1 140 93 17 5 0.01 2 1.2 2.8 12 0.01
KL36-01 247.2 251.4 0.003 30 0.04 0.9 312 87 27 63 1 2 1.5 5.3 19 0.01
KL36-01 251.4 254.4 0.0024 24 0.09 0.6 124 53 10 7 0.01 1 1 3.8 13 0.01
KL36-01 254.4 264.2 0.0042 42 0.23 1.7 1120 540 20 9 3 1 4 8.8 20 0.01
KL36-01 264.2 268.9 0.0054 54 0.2 1.7 690 334 30 16 3 2 3.9 25.0 25 0.1
KL36-01 268.9 270.6 0.002 20 0.01 0.1 281 187 3 6 0.01 1 0.8 2.3 15 0.01
KL36-01 270.6 273 0.0041 41 0.07 0.8 710 101 14 15 3 2 1 4.5 15 0.01
KL36-01 273 275.2 0.0019 19 0.03 1 540 1150 11 3 0.01 1 1.6 4.8 17 0.01
KL36-01 275.2 278.9 0.005 50 0.11 1.7 780 500 15 9 2 1 2.6 8.8 22 0.01
KL36-01 278.9 281.4 0.002 20 0.33 1.3 243 181 24 10 1 1 4.1 5.7 33 0.01
KL36-01 281.4 287.4 0.002 20 0.16 1.1 201 148 9 5 1 1 1.3 3.0 20 0.01
KL36-01 287.4 292.2 0.0026 26 0.12 1 368 185 16 4 1 1 1.5 4.6 25 0.01
KL36-01 292.2 295.6 0.001 10 0.04 0.1 200 127 7 1 0.01 1 0.5 1.5 16 0.01
KL36-01 295.6 299.3 0.0011 11 0.15 0.7 228 219 18 2 0.01 1 1 3.5 21 0.01
KL36-01 299.3 302.4 0.0048 48 0.06 1.3 4750 557 10 3 2 1 1.6 9.3 22 0.01
KL36-01 302.4 306.4 0.053 530 0.06 1.4 1130 414 14 4 1 1 1.4 5.5 25 0.01
KL36-01 306.4 310.8 0.0016 16 0.03 0.7 81 173 7 3 1 1 0.4 4.4 20 0.01
KL36-01 310.8 314.4 0.0015 15 0.01 0.1 97 98 7 4 0.01 1 0.4 3.0 26 0.01
KL36-01 314.4 317.4 0.0015 15 0.03 0.1 233 214 8 3 0.01 1 0.5 5.5 23 0.01
KL36-01 317.4 320.4 0.003 30 0.06 0.1 277 270 10 3 0.01 1 0.9 5.0 27 0.01
KL36-01 320.4 325.2 0.0024 24 0.04 0.1 278 311 9 4 0.01 1 0.9 7.3 22 0.01
KL36-01 325.2 328.2 0.0013 13 0.04 1.5 1600 1020 7 3 0.01 1 2.6 4.0 21 0.01
KL36-01 328.2 331.3 0.0025 25 0.05 0.6 281 270 8 4 1 1 0.6 5.8 24 0.01
KL36-01 331.3 334.1 0.0064 64 0.03 0.5 600 200 9 8 0.01 1 0.7 3.8 19 0.01
KL36-01 334.1 336.3 0.0073 73 0.02 0.1 289 132 6 13 0.01 1 1 2.6 16 0.01
KL36-01 336.3 340.3 0.0074 74 0.03 0.1 217 165 10 10 0.01 1 0.6 4.0 17 0.01



Appendix V - 272 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-01 340.3 343.3 0.0077 77 0.01 0.1 96 55 12 9 0.01 1 0.8 1.1 22 0.01
KL36-01 343.3 346.6 0.0124 124 0.02 0.1 380 94 13 14 0.01 1 1.4 2.3 18 0.01
KL36-01 346.6 350.4 0.0054 54 0.02 0.1 396 333 7 6 0.01 1 0.8 3.5 20 0.01
KL36-01 350.4 353.2 0.0062 62 0.05 0.1 167 167 13 6 0.01 1 1.7 6.3 20 0.01
KL36-01 353.2 355.9 0.0055 55 0.07 0.1 680 384 9 2 0.01 1 2.1 3.5 23 0.01
KL36-01 355.9 359.4 0.0059 59 0.11 0.1 280 194 10 3 0.01 1 1 5.0 25 0.01
KL36-01 359.4 362.4 0.0156 156 0.16 3.6 3200 2100 26 4 1 1 5.2 26.8 35 0.01
KL36-01 362.4 365.4 0.0261 261 0.19 13.5 9400 6900 71 5 0.01 1 17.2 30.5 25 0.12
KL36-01 365.4 368.4 0.0125 125 0.09 0.7 428 277 17 5 0.01 1 1.4 4.8 26 0.01
KL36-01 368.4 371.4 0.051 510 0.08 2.1 960 520 120 7 1 1 6.5 5.8 29 0.01
KL36-02 0 4 0.0077 77 0.01 0.1 129 57 8 6 0.01 1 0.5 1.9 20 0.01
KL36-02 4 8.5 0.0026 26 0.01 0.1 101 44 5 6 1 1 0.5 2.8 19 0.01
KL36-02 8.5 11.5 0.0024 24 0.01 0.1 180 65 6 4 1 1 0.6 2.5 23 0.01
KL36-02 11.5 14.5 0.0018 18 0.04 0.5 280 95 10 3 0.01 1 1 3.0 18 0.01
KL36-02 14.5 17.2 0.0047 47 0.02 0.5 284 116 11 4 0.01 1 1.1 1.7 20 0.01
KL36-02 17.2 20.5 0.0025 25 0.06 1.6 930 460 23 2 0.01 1 4.7 1.3 22 0.01
KL36-02 20.5 23.5 0.0043 43 0.12 2.4 1450 650 39 5 0.01 2 4.7 2.0 30 0.01
KL36-02 23.5 26.5 0.0019 19 0.07 1.3 820 368 13 3 0.01 1 2.3 2.4 29 0.01
KL36-02 26.5 29.5 0.0029 29 0.06 1 640 296 13 5 0.01 1 2.7 3.3 16 0.01
KL36-02 29.5 32.5 0.0027 27 0.19 2.9 1560 600 27 5 0.01 1 4.8 3.8 22 0.13
KL36-02 32.5 35.5 0.0026 26 0.11 1.3 640 270 16 4 0.01 1 2.1 3.0 23 0.01
KL36-02 35.5 38.5 0.0093 93 0.08 0.8 304 88 12 3 0.01 1 1.8 3.7 21 0.01
KL36-02 38.5 41.5 0.0022 22 0.08 1.1 470 234 24 8 1 1 2.8 3.3 22 0.01
KL36-02 41.5 44.5 0.0108 108 0.04 1.4 660 221 16 7 0.01 1 2.1 3.5 24 0.01
KL36-02 44.5 47.5 0.0033 33 0.02 0.1 97 53 16 6 1 1 1 4.0 20 0.01
KL36-02 47.5 50.5 0.0066 66 0.04 0.7 440 265 29 5 1 1 4.1 5.3 29 0.01
KL36-02 50.5 53.5 0.0045 45 0.38 2.2 2100 3000 110 3 0.01 1 4.2 8.3 26 0.76
KL36-02 53.5 56.5 0.0049 49 0.09 1.5 1960 1320 18 4 0.01 1 3.5 9.0 20 0.21
KL36-02 56.5 59.5 0.0123 123 0.16 0.1 312 127 29 7 0.01 3 2.2 3.0 28 0.01
KL36-02 59.5 62.5 0.0074 74 0.1 0.5 540 192 35 6 0.01 2 3 4.0 33 0.01
KL36-02 62.5 65.5 0.0029 29 0.04 0.1 189 67 15 3 0.01 1 1 2.9 32 0.29
KL36-02 65.5 68.5 0.0043 43 0.03 0.1 200 146 21 4 0.01 1 1.6 4.8 24 0.01
KL36-02 68.5 71.5 0.0162 162 0.13 1.4 1190 330 80 9 15 4 6.3 5.3 68 0.25
KL36-02 71.5 74.5 0.0166 166 0.05 4 6100 2300 35 10 12 4 2.7 21.9 41 0.16
KL36-02 74.5 76.3 0.0349 349 0.03 2.1 1080 780 90 8 5 1 6.2 8.0 15 0.01
KL36-02 76.3 80.5 0.61 6100 0.18 32 3600 7100 180 126 421 8 20.5 20.6 57 0.1
KL36-02 80.5 83.5 1 10000 0.39 60 7850 39700 1130 550 105 4 50 113.5 162 0.53
KL36-02 83.5 86.5 0.0161 161 0.32 7.5 2730 1500 83 53 37 4 4.5 4.5 180 0.16
KL36-02 86.5 89.5 0.0084 84 0.39 2.1 3400 780 150 119 3 5 16.7 4.3 177 0.38
KL36-02 89.5 92.5 0.0182 182 0.25 4.5 2620 886 43 144 23 3 10.2 8.0 165 0.32
KL36-02 92.5 95.5 0.0257 257 0.1 1.4 1280 314 100 41 3 1 5.4 1.5 59 0.11
KL36-02 95.5 99.9 0.0159 159 0.06 0.5 388 102 30 40 0.01 1 3.1 5.3 31 0.01
KL36-02 99.9 104.5 0.0142 142 0.02 0.5 318 177 37 263 0.01 1 3.1 2.5 28 0.01
KL36-02 104.5 107.5 0.0079 79 0.44 4.7 9100 1660 110 100 2 1 14 8.3 36 1.04
KL36-02 107.5 111 0.0117 117 0.44 3.7 5300 1150 140 95 5 2 13.5 4.5 47 0.35
KL36-02 111 113.5 0.0115 115 0.09 4.3 1400 2030 31 23 9 1 7.2 7.5 24 0.11
KL36-02 113.5 116.5 0.0384 384 0.12 2.3 5700 1980 37 42 2 1 12.2 8.5 19 0.1
KL36-02 116.5 119.5 0.0143 143 0.06 1.4 910 289 31 25 8 1 3 1.4 23 0.01
KL36-02 119.5 122.5 0.0171 171 0.05 0.9 440 226 18 18 4 1 2.1 3.2 24 0.01
KL36-02 122.5 125.5 0.0086 86 0.01 0.8 760 390 13 20 2 1 1.1 2.4 25 0.01
KL36-02 125.5 128.5 0.0187 187 0.01 0.7 520 268 19 18 3 1 1.9 3.0 26 0.01
KL36-02 128.5 131.5 0.0106 106 0.01 0.9 770 368 10 32 2 1 1.3 3.5 25 0.01
KL36-02 131.5 134.5 0.0036 36 0.01 0.1 408 65 8 25 2 1 0.4 1.7 28 0.01
KL36-02 134.5 137.5 0.0283 283 0.05 1.4 2830 193 50 17 7 3 3.8 5.8 24 0.01
KL36-02 137.5 140.5 0.102 1020 0.71 7 5330 1220 150 245 78 15 46 18.0 36 0.1
KL36-02 140.5 143.5 0.0307 307 0.08 2.5 4630 497 59 34 10 3 34 7.3 31 0.01
KL36-02 143.5 146.5 0.0096 96 0.07 1.1 1120 340 38 325 3 2 12 5.5 24 0.01
KL36-02 146.5 150 0.0034 34 0.05 1 980 420 13 30 0.01 1 1.7 9.8 14 0.01
KL36-02 150 152.5 0.0104 104 0.08 5.4 5070 1470 42 20 8 7 4.8 9.4 19 0.01
KL36-02 152.5 155.5 0.0076 76 0.06 1.5 1190 720 22 13 3 1 1.8 4.3 12 0.01
KL36-02 155.5 158.5 0.0141 141 0.06 1.1 1800 750 31 16 1 1 2.6 2.3 16 0.01
KL36-02 158.5 161.5 0.058 580 0.12 3.3 7100 1100 140 43 19 8 9.8 6.0 19 0.1
KL36-02 161.5 164.5 0.023 230 0.2 8.6 12200 8000 61 46 7 4 14.4 11.8 25 0.16



Appendix V - 273 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-02 164.5 167.5 0.0281 281 0.17 12.1 2300 4800 81 131 24 3 7.5 27.0 18 0.12
KL36-02 167.5 170.5 0.0187 187 0.21 4.3 5400 4400 35 49 5 1 6.2 9.8 19 0.42
KL36-02 170.5 173.5 0.031 310 0.31 5 6500 2400 70 67 6 2 7.4 9.8 21 1.3
KL36-02 173.5 176.5 0.0227 227 0.19 3.7 4430 1980 47 35 5 1 4.3 9.0 27 1.23
KL36-02 176.5 179.5 0.0393 393 0.17 4.2 6400 4300 59 39 4 4 6.6 11.3 21 0.53
KL36-02 179.5 182.5 0.0369 369 0.45 5.4 4560 3080 110 130 10 3 4.5 12.1 27 1.84
KL36-02 182.5 185.5 0.0277 277 0.17 3.1 3740 1590 65 28 6 1 3.7 10.3 14 0.72
KL36-02 185.5 188.5 0.0381 381 0.47 21.5 5700 10400 150 27 47 2 6.1 24.5 47 0.82
KL36-02 188.5 192.5 0.0344 344 0.41 11.3 18900 1780 150 33 61 2 1.3 30.2 50 0.53
KL36-02 192.5 194.5 0.0285 285 0.4 3 2070 1130 140 22 7 4 3 8.8 46 0.36
KL36-02 194.5 197.5 0.103 1030 1.53 41 28900 30400 230 33 132 6 17.5 75.8 63 1.7
KL36-02 197.5 203.5 0.9 9000 1.82 3.2 670 289 140 20 52 16 3.1 27.0 115 0.19
KL36-02 203.5 206.5 0.97 9700 1.43 5 2600 365 36 10 76 30 2.7 64.3 189 0.11
KL36-02 206.5 209.5 1.39 13900 2.44 8 3000 1260 1320 64 70 53 9.4 41.0 318 2.35
KL36-02 209.5 212.5 1.02 10200 1.07 8.8 750 430 1960 84 38 40 22 24.5 321 1
KL36-02 212.5 215 1.67 16700 0.44 8 940 239 1710 2150 26 48 25 30.5 374 0.96
KL36-02 215 221.5 2.16 21600 0.62 12 690 3300 2400 498 13 41 24 45.0 269 1.23
KL36-02 221.5 227.5 5.72 57200 0.78 39 1760 970 3800 26 36 66 26 37.5 88 1.86
KL36-02 227.5 232.5 0.72 7200 1.17 8.5 1140 1210 1020 102 7 103 9.3 67.0 85 0.33
KL36-02 232.5 236 3.06 30600 0.71 13.6 1130 800 580 105 2 53 12.7 40.5 159 0.55
KL36-02 236 239.5 0.34 3400 0.55 4.5 410 2900 230 221 3 66 7.8 38.0 192 0.19
KL36-02 239.5 242.5 2.3 23000 0.78 7.4 184 570 220 63 1 73 7.6 45.0 71 0.32
KL36-02 242.5 248.5 1.67 16700 0.52 4.7 80 81 180 44 2 51 3.7 33.5 146 0.31
KL36-02 248.5 251.5 2.63 26300 0.64 4.3 153 51 710 32 1 68 22 35.0 75 0.96
KL36-02 251.5 254.5 4.2 42000 0.95 6.9 63 34 260 69 2 82 7 46.0 96 0.46
KL36-02 254.5 257.5 2.14 21400 1.05 3.8 119 44 180 18 2 85 5.3 84.0 74 0.24
KL36-02 257.5 259.5 1.42 14200 0.96 5.8 227 63 300 81 13 86 3.4 87.5 117 0.01
KL36-02 259.5 262.5 2.03 20300 0.95 10.3 240 64 310 33 7 192 4.9 140.0 59 0.01
KL36-02 262.5 266.5 2.24 22400 0.77 3.2 86 58 260 105 3 109 1.1 46.0 105 0.01
KL36-02 266.5 269.5 2.26 22600 0.88 2.9 69 59 130 98 3 107 0.7 48.0 123 0.01
KL36-02 269.5 272.5 1.87 18700 0.68 4.6 199 392 340 127 5 92 6.7 50.0 125 0.01
KL36-02 272.5 274 2.84 28400 1.12 4.4 166 223 160 63 4 97 2.3 38.0 86 0.01
KL36-02 274 277 2.66 26600 0.82 2.9 253 189 160 70 3 69 0.7 35.0 92 0.01
KL36-02 277 280 1.12 11200 0.68 3.5 700 640 270 76 5 76 1.4 42.7 313 0.11
KL36-02 280 283 1.24 12400 0.8 2.4 223 99 290 40 5 50 1.3 27.3 94 0.15
KL36-02 283 285.5 1.04 10400 0.56 3.2 153 98 480 38 9 32 2.8 30.0 305 0.13
KL36-02 285.5 289.5 1.25 12500 0.6 3 163 116 46 47 5 55 0.8 29.0 138 0.11
KL36-02 289.5 291.9 0.75 7500 1.73 2.1 116 119 210 15 18 50 1.7 66.5 35 0.1
KL36-02 291.9 294.5 1.67 16700 2.43 6.3 690 299 1280 47 68 19 5 50.0 158 0.11
KL36-02 294.5 298 1.12 11200 1.39 7.8 940 211 42 19 108 14 2.3 25.3 101 0.01
KL36-02 298 300.5 0.41 4100 1.52 8.3 1320 354 53 5 540 5 2.9 12.8 159 0.01
KL36-02 300.5 302.5 0.61 6100 1.26 8.9 1460 820 130 9 273 4 3 16.3 133 0.01
KL36-02 302.5 304.5 0.51 5100 1.37 6.2 53600 332 64 82 110 5 3.6 12.8 171 0.15
KL36-02 304.5 308 1.59 15900 2.33 20.2 141000 304 250 50 230 6 3 30.5 277 0.15
KL36-02 308 311 14.9 149000 1.66 77 1190 356 410 5 880 1 46 3.0 85 0.01
KL36-02 311 317.5 1.81 18100 0.9 7.7 1130 275 530 10 41 5 4.6 38.0 115 0.01
KL36-02 317.5 320.5 0.65 6500 0.78 3 690 202 520 55 19 12 2.8 54.0 42 0.01
KL36-02 320.5 323.5 0.8 8000 0.92 4.3 1300 560 610 1120 23 63 3.5 110.0 154 0.01
KL36-02 323.5 328.5 0.26 2600 6.34 16.1 17500 3700 840 18 107 5 12.8 53.2 100 0.5
KL36-02 328.5 331.5 0.33 3300 1.88 6.4 4800 660 630 11 67 14 4.3 59.0 110 0.12
KL36-02 331.5 334.5 0.94 9400 1.94 2.6 259 73 200 64 37 22 2.4 91.0 89 0.1
KL36-02 334.5 337.6 1.23 12300 2.1 3.9 269 116 840 13 67 9 1.3 100.0 90 0.01
KL36-02 337.6 340.5 0.38 3800 0.86 3.7 261 171 960 33 157 6 1.6 85.0 95 0.01
KL36-02 340.5 342.5 0.6 6000 1.72 4.8 266 194 790 9 172 26 0.9 44.0 120 0.01
KL36-02 342.5 345.5 2.17 21700 4.82 9.2 1160 138 2700 15 159 9 2.1 53.0 135 0.1
KL36-02 345.5 348.5 0.74 7400 3.48 7.6 23000 190 160 49 155 18 4.6 33.0 110 0.01
KL36-02 348.5 350 0.56 5600 2.12 8.1 24300 380 130 75 221 13 3.5 63.0 87 0.01
KL36-02 350 353 0.45 4500 2.84 2.4 710 165 140 42 31 11 3.6 68.3 148 0.01
KL36-02 353 354.8 0.31 3100 2.66 4.5 4700 132 210 63 70 9 12.9 64.8 107 0.01
KL36-02 354.8 356.5 0.33 3300 2.52 4.2 7200 178 250 88 141 8 10.8 65.0 110 0.01
KL36-02 356.5 359.5 0.0291 291 7.61 1.5 1730 98 200 87 44 6 22 6.6 96 0.01
KL36-02 359.5 362.5 0.0095 95 1.1 0.1 257 43 53 11 3 3 9.2 11.0 44 0.01
KL36-02 362.5 365.5 0.0189 189 0.77 0.7 5200 180 170 24 2 14 20 9.3 52 0.1



Appendix V - 274 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-02 365.5 368.5 0.0113 113 0.96 3.1 1250 920 150 14 7 6 22 28.8 81 0.1
KL36-02 368.5 371.5 1.31 13100 1.88 38 25500 20500 630 31 38 4 32 29.0 162 0.14
KL36-02 371.5 374.5 0.115 1150 3.28 86 27000 22500 870 77 148 7 66 155.5 236 0.44
KL36-02 374.5 376.5 0.107 1070 4.52 6.3 6000 1180 620 44 83 7 20 16.0 207 0.1
KL36-02 376.5 379.5 0.278 2780 4.74 3.2 484 450 600 36 176 4 5.5 30.2 179 0.01
KL36-02 379.5 384.5 1.25 12500 2.08 4 368 256 1680 36 26 45 2.4 56.0 191 0.01
KL36-02 384.5 386.5 1.36 13600 2.16 4.1 520 275 790 60 22 21 3 46.5 192 0.01
KL36-02 386.5 389 1 10000 2.12 3 388 169 450 19 9 14 2.2 37.9 189 0.01
KL36-02 389 392 1.35 13500 2.58 3.5 890 218 2650 17 8 34 2.3 36.0 231 0.11
KL36-02 392 394.5 0.55 5500 1.38 1.9 450 151 1100 60 3 45 3.6 32.4 234 0.01
KL36-02 394.5 396.5 1.27 12700 2.62 3.8 1080 420 1890 20 3 58 3.3 21.5 192 0.01
KL36-02 396.5 399.5 1.25 12500 2.48 4.5 3800 1050 310 50 12 62 2.5 32.7 148 0.01
KL36-02 399.5 401.5 0.53 5300 1.22 2.7 1660 460 46 232 13 13 1.9 10.3 108 0.01
KL36-02 401.5 404.5 0.75 7500 1.18 4.7 1370 600 59 670 5 10 3.8 9.5 66 0.01
KL36-02 404.5 407.5 0.7 7000 1.16 3.1 289 268 56 112 5 15 2.8 12.3 81 0.01
KL36-02 407.5 409.5 0.58 5800 1.26 4.3 990 970 240 1020 6 23 4.2 12.8 91 0.01
KL36-02 409.5 412.5 0.313 3130 0.86 3.7 810 1070 65 134 3 16 2.6 11.3 104 0.01
KL36-02 412.5 415 0.148 1480 0.29 2.4 1180 480 120 750 12 8 1.8 11.8 90 0.01
KL36-02 415 418 0.145 1450 0.23 4.4 1460 960 150 165 15 11 4 11.8 185 0.01
KL36-02 418 421 0.349 3490 0.29 6.2 2260 1070 150 692 43 9 6.8 15.8 99 0.01
KL36-02 421 423.5 0.059 590 0.11 2.1 460 267 27 261 5 7 1.1 12.0 76 0.01
KL36-02 423.5 425.5 0.101 1010 0.17 2.3 670 280 30 224 7 9 1.2 14.0 70 0.01
KL36-02 425.5 427.5 0.046 460 0.15 1.7 224 196 23 299 4 5 0.7 5.0 49 0.01
KL36-02 427.5 430.4 0.203 2030 0.14 3.1 320 190 38 524 11 9 0.9 7.3 69 0.01
KL36-02 430.4 433.4 0.467 4670 0.18 6.5 510 187 370 273 34 10 1.7 8.1 113 0.01
KL36-02 433.4 436 0.327 3270 0.22 12.2 5380 4020 670 79 16 12 8.2 9.5 105 0.01
KL36-02 436 438.6 0.383 3830 0.2 9.6 4300 2800 820 55 14 8 9.6 5.8 91 0.01
KL36-02 438.6 440.7 0.41 4100 0.68 9.2 5300 2510 220 960 10 10 10.4 12.3 93 0.01
KL36-02 440.7 443.5 0.58 5800 1.07 10.6 4140 1410 180 404 10 8 9.6 11.8 51 0.01
KL36-02 443.5 446.5 0.305 3050 0.74 6.3 2410 310 140 740 17 6 4.9 7.5 55 0.01
KL36-02 446.5 449.5 0.342 3420 0.96 5.5 2150 440 230 500 6 8 10.4 7.6 98 0.01
KL36-02 449.5 452.5 0.51 5100 2.33 9.8 3480 730 380 560 9 9 17.6 10.1 121 0.01
KL36-02 452.5 455.5 0.367 3670 2.22 7.2 4640 1780 360 755 3 10 15 9.5 89 0.01
KL36-02 455.5 458.2 0.316 3160 1.44 6.4 4540 1550 500 1000 3 10 11.7 8.5 112 0.01
KL36-02 458.2 461.3 0.88 8800 2.24 9.6 1050 1330 400 415 2 14 15.6 18.0 85 0.01
KL36-02 461.3 463.5 0.206 2060 1.61 2.2 260 410 240 896 7 7 9.7 13.3 88 0.01
KL36-02 463.5 466 0.32 3200 1.18 3.1 360 470 300 600 7 9 7.3 9.8 136 0.01
KL36-02 466 469 0.358 3580 1.45 2.7 460 364 310 1640 9 10 11.6 9.8 127 0.01
KL36-02 469 473.5 0.168 1680 1.28 1.8 430 357 220 930 30 8 6.5 7.8 118 0.01
KL36-03 0 3.6 0.0068 68 0.01 0.8 210 76 11 4 0.01 1 1.3 1.8 20 0.01
KL36-03 3.6 5.7 0.0086 86 0.01 0.6 199 135 11 3 0.01 1 1 1.0 24 0.01
KL36-03 5.7 8.7 0.0094 94 0.03 0.7 490 192 10 7 0.01 1 1.6 1.4 22 0.01
KL36-03 8.7 10.8 0.0078 78 0.09 3.8 1920 1410 23 10 0.01 1 6.7 2.0 25 0.01
KL36-03 10.8 13.2 0.0052 52 0.03 1.1 364 263 14 5 0.01 1 1.3 1.6 23 0.01
KL36-03 13.2 16 0.0056 56 0.04 0.8 366 192 10 4 0.01 1 2.1 1.3 21 0.01
KL36-03 16 17.7 0.0146 146 0.02 0.7 310 158 12 8 0.01 1 1.5 1.3 26 0.01
KL36-03 17.7 20.7 0.0111 111 0.04 1.5 1000 400 15 6 0.01 1 3.1 1.8 27 0.01
KL36-03 20.7 23.5 0.014 140 0.07 1.9 1530 590 14 4 0.01 2 3.3 1.1 24 0.01
KL36-03 23.5 26.7 0.0271 271 0.21 11.4 8300 4900 63 39 7 2 16.6 6.0 25 0.28
KL36-03 26.7 29.7 0.0102 102 0.07 1.7 1120 690 18 7 0.01 1 2.9 2.0 22 0.1
KL36-03 29.7 32.2 0.0142 142 0.05 1.1 830 357 17 6 0.01 1 2.2 1.5 20 0.01
KL36-03 32.2 35.5 0.0083 83 0.02 0.5 340 121 10 8 0.01 1 1.2 1.5 23 0.01
KL36-03 35.5 38.6 0.006 60 0.03 0.9 416 309 16 4 0.01 1 1.4 1.0 22 0.01
KL36-03 38.6 41.6 0.0099 99 0.01 0.7 259 120 13 4 0.01 1 1.5 1.2 22 0.01
KL36-03 41.6 44.7 0.0048 48 0.02 0.9 490 220 20 8 1 1 2.2 1.5 22 0.01
KL36-03 44.7 47.7 0.006 60 0.01 0.5 191 110 14 3 0.01 1 1.3 1.3 22 0.01
KL36-03 47.7 50.7 0.0106 106 0.02 1.2 650 670 35 3 1 1 7 3.3 25 0.01
KL36-03 50.7 53.7 0.0117 117 0.05 0.7 1030 690 36 4 0.01 1 13.5 2.0 24 0.24
KL36-03 53.7 56.7 0.0056 56 0.03 0.7 171 255 24 3 0.01 1 2 2.0 20 0.01
KL36-03 56.7 59.7 0.0087 87 0.04 1 540 520 39 3 1 1 6 3.8 24 0.01
KL36-03 59.7 62.7 0.0068 68 0.14 1.2 1730 780 130 5 0.01 1 17.3 4.8 26 0.53
KL36-03 62.7 65.7 0.006 60 0.07 0.8 450 430 28 4 0.01 1 2.7 2.0 31 0.01
KL36-03 65.7 68.7 0.0069 69 0.06 0.1 570 394 22 5 0.01 1 6 2.1 35 0.01



Appendix V - 275 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-03 68.7 71.7 0.0308 308 0.17 1.4 620 309 130 43 23 1 5.4 4.8 54 0.01
KL36-03 71.7 74.7 0.052 520 0.37 3.2 4600 1680 190 400 10 4 12.5 7.5 51 0.01
KL36-03 74.7 77.2 0.0263 263 0.12 0.8 1260 430 140 8 2 1 11.2 3.8 50 0.36
KL36-03 77.2 80.2 0.0345 345 0.14 3.5 490 430 57 14 96 4 3.2 13.0 36 0.01
KL36-03 80.2 81.3 0.051 510 0.07 5.1 640 490 63 33 126 5 3.5 5.5 43 0.01
KL36-03 81.3 83.7 0.177 1770 0.28 7.4 4200 3800 310 350 26 3 13.3 10.0 55 0.01
KL36-03 83.7 86.7 0.0283 283 0.33 4.4 2100 1310 140 73 17 2 7.6 10.5 38 0.17
KL36-03 86.7 89.7 0.0397 397 0.27 2.2 1580 880 170 124 5 1 13.3 6.0 42 0.01
KL36-03 89.7 91.9 0.0214 214 0.23 1.1 189 84 110 171 13 1 8.4 4.3 54 0.01
KL36-03 91.9 93.8 0.043 430 0.21 3.5 3300 1350 150 340 15 2 9.9 7.5 40 0.01
KL36-03 93.8 95.7 0.104 1040 0.08 2.1 1070 460 240 53 12 1 12.2 3.2 35 0.01
KL36-03 95.7 97.8 0.0162 162 0.05 1.3 880 404 38 145 1 1 4.7 1.5 30 0.01
KL36-03 97.8 99.5 0.0195 195 0.11 1.5 1210 550 77 63 3 1 3.1 2.0 40 0.01
KL36-03 99.5 101.7 0.0164 164 0.32 7.3 3600 3500 120 96 12 1 5.2 7.5 37 0.01
KL36-03 101.7 104.7 0.0143 143 0.13 1 780 520 55 60 2 1 2.1 1.4 32 0.01
KL36-03 104.7 107.7 0.0081 81 0.01 0.6 365 312 34 610 0.01 1 3.4 1.3 28 0.01
KL36-03 107.7 109.7 0.0085 85 0.02 0.8 450 410 28 650 1 1 2.3 1.8 20 0.01
KL36-03 109.7 112 0.0108 108 0.03 0.5 270 180 22 296 2 1 1.6 2.0 28 0.01
KL36-03 112 114.6 0.049 490 0.2 3.3 950 410 240 2000 18 5 10 13.3 57 0.1
KL36-03 114.6 117.2 0.0375 375 0.35 2.7 3400 850 170 370 11 8 9.1 14.0 66 0.11
KL36-03 117.2 121.3 0.075 750 0.68 9.7 11800 6400 280 920 12 7 45 16.0 43 0.34
KL36-03 121.3 123.3 0.045 450 0.26 3.2 3700 1040 130 368 13 3 10.8 9.3 54 0.13
KL36-03 123.3 125.7 0.082 820 0.33 23.8 29400 26000 140 217 23 1 35 25.5 28 0.27
KL36-03 125.7 128.7 0.0348 348 0.11 5.5 4400 4200 90 50 10 1 8.8 9.5 25 0.01
KL36-03 128.7 130.2 0.0171 171 0.09 8.8 1520 3000 52 29 19 1 5 38.5 27 0.01
KL36-03 130.2 132.7 0.015 150 0.1 3.1 1130 1200 30 26 6 1 2.2 11.8 28 0.01
KL36-03 132.7 134.2 0.0087 87 0.05 1 560 358 23 40 2 1 1.5 3.0 27 0.01
KL36-03 134.2 136.7 0.0087 87 0.08 1.5 1130 460 32 25 6 1 1.5 2.8 27 0.01
KL36-03 136.7 139.2 0.048 480 0.07 1 900 361 25 15 3 2 0.7 3.3 28 0.01
KL36-03 139.2 141.7 0.0302 302 0.1 1.3 1450 570 30 22 2 1 2.3 2.8 27 0.01
KL36-03 141.7 143.7 0.055 550 0.47 3.8 5800 1650 230 430 10 6 11.6 12.0 70 0.01
KL36-03 143.7 146.7 0.043 430 0.44 8.6 10000 4600 120 1200 22 5 14.7 14.2 25 0.01
KL36-03 146.7 149.7 0.095 950 0.76 36 49900 38100 540 58 24 8 90 35.0 25 0.28
KL36-03 149.7 152.7 0.1 1000 0.56 10.4 25000 8900 160 129 25 14 25 18.0 24 0.14
KL36-03 152.7 155 0.0076 76 0.13 3.1 2330 970 40 37 11 1 3.2 4.3 14 0.01
KL36-03 155 158 0.0301 301 0.24 5.6 8600 3500 120 48 35 1 22 6.8 17 0.01
KL36-03 158 161 0.0279 279 0.21 5.9 6900 2050 130 114 31 1 7.3 8.4 15 0.01
KL36-03 161 164.7 0.026 260 0.13 2.9 4800 1300 120 73 10 1 4.3 4.3 18 0.01
KL36-03 164.7 167.7 0.168 1680 0.52 4.5 3500 1140 78 67 10 7 2.3 9.3 18 0.01
KL36-03 167.7 170.2 0.041 410 0.12 2.4 1970 1100 74 26 8 3 2.7 7.5 15 0.01
KL36-03 170.2 171.4 0.048 480 0.12 3.8 4800 1510 98 20 11 5 3.6 6.8 13 0.01
KL36-03 171.4 173.7 0.078 780 0.18 8 9000 2400 160 45 18 8 6.1 8.6 13 0.01
KL36-03 173.7 175.3 0.0291 291 0.1 4.3 5100 1120 95 48 18 1 2.7 5.3 14 0.01
KL36-03 175.3 177.9 0.0299 299 0.11 4.2 6900 2200 140 86 15 1 3.2 6.0 16 0.01
KL36-03 177.9 179.3 0.015 150 0.05 2.4 1210 760 50 71 6 1 1.6 2.3 16 0.01
KL36-03 179.3 181.6 0.32 3200 0.27 165 112000 151000 640 153 115 7 160 27.0 25 0.16
KL36-03 181.6 183.4 0.0203 203 0.07 1.9 1700 480 94 50 12 1 2.7 4.0 16 0.01
KL36-03 183.4 185.7 0.0242 242 0.07 2.1 1710 670 77 56 19 1 2.1 4.5 16 0.01
KL36-03 185.7 188.7 0.0248 248 0.12 4.4 2600 1060 90 43 19 1 2.2 5.5 15 0.01
KL36-03 188.7 191.7 0.0187 187 0.14 4.9 2190 1220 74 50 18 1 2.1 6.5 14 0.01
KL36-03 191.7 194.7 0.082 820 0.47 2.9 4300 820 54 178 7 4 1.8 7.3 20 0.01
KL36-03 194.7 197.7 0.348 3480 1.11 5.6 5900 800 92 159 13 20 3.3 12.3 27 0.01
KL36-03 197.7 200.7 0.147 1470 0.71 14.5 20600 3200 150 66 57 15 3.2 14.5 22 0.1
KL36-03 200.7 203.7 0.118 1180 0.68 16.4 31900 2700 140 57 62 4 3.4 22.0 16 0.01
KL36-03 203.7 206.7 0.39 3900 2.55 12 25800 930 160 184 106 41 5.4 47.0 51 0.01
KL36-03 206.7 209.7 1.62 16200 1.5 21.6 1030 450 82 320 16 54 1.5 45.0 30 0.01
KL36-03 209.7 212.7 0.72 7200 1.27 20 6600 2700 120 148 13 43 4.7 22.4 25 0.01
KL36-03 212.7 215.7 1.5 15000 1.51 24.3 2800 1050 91 195 6 60 4.1 27.0 28 0.01
KL36-03 215.7 218.7 2.14 21400 2.67 34 3500 1950 72 141 7 55 3.8 22.0 30 0.01
KL36-03 218.7 221.7 2.18 21800 2.03 29.9 1770 1050 65 144 8 55 2.3 37.0 26 0.01
KL36-03 221.7 223.6 3.36 33600 3.36 32 1240 171 100 231 25 85 2.4 13.0 64 0.01
KL36-03 223.6 226.7 1.73 17300 1.45 11.1 770 257 27 56 8 42 1.9 24.0 31 0.01
KL36-03 226.7 228.7 1.06 10600 1.29 11.5 900 347 100 358 36 51 2.3 38.0 28 0.01



Appendix V - 276 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-03 228.7 230.7 0.67 6700 0.85 3.8 3100 1580 320 1700 22 14 4.1 25.8 95 0.38
KL36-03 230.7 233.7 0.29 2900 0.62 2.5 6300 3700 950 2400 6 16 12.6 26.1 128 1.16
KL36-03 233.7 236.7 0.268 2680 0.5 2.3 4800 1600 470 1500 11 12 6 16.0 80 0.47
KL36-03 236.7 239.7 0.57 5700 0.34 4.2 550 240 23 410 3 17 1.9 17.5 30 0.01
KL36-03 239.7 242 0.91 9100 0.85 8.2 281 117 62 178 12 38 2.5 28.5 36 0.01
KL36-03 242 243.5 0.59 5900 0.64 3.1 110 57 41 32 6 19 2.1 25.6 28 0.01
KL36-03 243.5 245.7 0.985 9850 1 4.8 293 154 51 124 5 24 2.7 26.0 29 0.01
KL36-03 245.7 248.7 1.11 11100 1.08 5.8 418 203 36 180 5 25 2 19.8 26 0.01
KL36-03 248.7 251.7 0.71 7100 0.4 4.5 990 470 17 56 3 23 3 15.0 25 0.01
KL36-03 251.7 254 0.81 8100 0.51 5.3 210 116 26 500 3 21 2 8.5 24 0.01
KL36-03 254 257 1.1 11000 0.69 11.2 110 71 26 82 8 49 1.6 11.5 20 0.01
KL36-03 257 258.5 1.37 13700 0.55 17 86 61 19 172 34 24 1.6 7.0 13 0.01
KL36-03 258.5 260.7 0.92 9200 0.52 7.7 3800 440 120 260 2 20 2 9.8 43 0.01
KL36-03 260.7 263.7 1.85 18500 1.17 17.8 8200 740 310 214 5 37 2 24.5 38 0.01
KL36-03 263.7 266.7 1.11 11100 0.61 7.8 3850 570 89 3100 3 29 1.4 16.0 69 0.01
KL36-03 266.7 269.7 0.48 4800 0.32 2.3 315 140 24 252 1 23 1.5 10.8 29 0.01
KL36-03 269.7 272.7 0.147 1470 0.14 1.2 148 80 15 230 2 24 1.3 7.8 24 0.01
KL36-03 272.7 275.7 0.86 8600 0.65 9.8 270 172 34 112 18 42 2.4 14.0 29 0.01
KL36-03 275.7 278.5 1.38 13800 1.09 24.6 1500 123 16 56 25 42 2.1 19.5 38 0.01
KL36-03 278.5 281.5 1.3 13000 0.93 19.8 1740 193 41 58 20 43 2.2 19.0 44 0.01
KL36-03 281.5 284.5 1.76 17600 1.15 22.5 1150 117 43 940 21 48 4.1 24.0 33 0.01
KL36-03 284.5 287.6 2.78 27800 1.63 9.1 184 66 22 119 10 49 3 15.0 36 0.01
KL36-03 287.6 290.6 2.23 22300 1.13 6.8 98 83 21 7 4 63 2.7 16.5 30 0.01
KL36-03 290.6 293.7 2.1 21000 0.83 5.4 221 206 42 4 7 51 2.6 18.0 41 0.1
KL36-03 293.7 296.7 1.47 14700 0.71 3.6 98 76 18 11 8 42 2 22.5 62 0.01
KL36-03 296.7 299.7 1.87 18700 1.09 5.9 100 49 13 12 9 40 1.4 16.0 45 0.01
KL36-03 299.7 302.7 2.7 27000 1.25 7.5 253 62 13 9 7 59 1.7 12.0 47 0.01
KL36-03 302.7 305.7 1.93 19300 1.12 5.9 172 42 7 7 4 51 1.7 11.5 43 0.01
KL36-03 305.7 308.7 2.21 22100 1.67 6.1 83 57 7 14 3 45 1.1 6.0 33 0.01
KL36-03 308.7 311.7 3.16 31600 2.24 8.1 108 34 9 52 2 46 0.8 13.0 28 0.01
KL36-03 311.7 314.7 2 20000 2.37 5.1 76 46 15 303 3 52 2 11.5 48 0.01
KL36-03 314.7 317.7 1.74 17400 1.07 5 1220 214 1560 10 6 65 4.5 42.0 61 0.8
KL36-03 317.7 320 1.56 15600 0.55 3.1 1390 247 120 209 3 67 2 42.5 51 0.5
KL36-03 320 321.5 0.6 6000 0.27 1.1 363 108 55 382 2 45 1 16.0 41 0.15
KL36-03 321.5 323.7 0.88 8800 0.28 1.5 640 177 48 376 0.01 54 0.8 14.3 55 0.18
KL36-03 323.7 326.7 0.68 6800 0.28 1.3 550 112 40 101 3 54 0.8 43.5 108 0.14
KL36-03 326.7 329.7 1.3 13000 0.23 2.7 1140 172 31 200 1 47 0.8 23.5 101 0.25
KL36-03 329.7 332.7 1.24 12400 0.41 2.7 740 101 200 375 2 117 1.9 22.0 134 0.22
KL36-03 332.7 335.7 1.46 14600 0.75 4.7 1720 316 1420 360 4 116 60 28.0 98 0.48
KL36-03 335.7 338.7 0.0214 214 0.23 1.1 189 84 110 171 13 1 8.4 4.3 54 0.01
KL36-03 338.7 341 1.04 10400 0.48 2.6 2350 366 160 310 4 168 5.7 33.5 95 0.24
KL36-03 341 343.7 1.3 13000 0.38 3.2 3400 460 33 551 2 230 0.6 32.5 79 0.2
KL36-03 343.7 345.7 1.38 13800 0.36 2.8 800 127 31 270 1 159 0.7 23.5 76 0.11
KL36-03 345.7 347.7 1.32 13200 0.37 3.1 1360 123 22 174 0.01 145 0.6 17.5 70 0.16
KL36-03 347.7 350.7 1.38 13800 0.57 3.4 399 52 16 231 0.01 106 0.5 27.5 79 0.15
KL36-03 350.7 353.7 1.28 12800 0.16 3 297 32 12 164 0.01 120 0.4 25.0 96 0.12
KL36-03 353.7 356.3 0.87 8700 0.29 1.6 2100 560 37 243 0.01 95 0.7 32.5 93 0.18
KL36-03 356.3 358.9 0.94 9400 0.24 1.5 2350 450 40 235 0.01 90 0.6 22.2 94 0.13
KL36-03 358.9 360.9 1.41 14100 0.19 2.8 1930 460 18 224 0.01 67 0.5 24.5 94 0.17
KL36-03 360.9 362.7 1.54 15400 0.13 2.8 1090 251 51 267 0.01 106 4.3 37.5 84 0.15
KL36-03 362.7 364.5 1.87 18700 0.14 3.2 161 86 29 364 0.01 60 0.2 23.0 95 0.1
KL36-03 364.5 367.6 1.06 10600 0.13 2.1 700 206 46 167 0.01 45 0.7 19.0 93 0.11
KL36-03 367.6 370.1 1.15 11500 0.14 2.1 297 72 260 320 0.01 27 3.4 12.5 113 0.12
KL36-03 370.1 373.1 1.05 10500 0.14 2.4 233 181 59 162 0.01 56 0.4 18.0 94 0.1
KL36-03 373.1 376.2 1.02 10200 0.11 3.8 372 365 130 320 0.01 53 2.2 18.5 93 0.11
KL36-03 376.2 377.7 1.07 10700 0.1 3.8 155 440 220 330 0.01 50 1.8 14.5 99 0.1
KL36-03 377.7 380.7 1.62 16200 0.17 4.8 1220 210 1640 400 2 56 6.5 20.0 84 0.28
KL36-03 380.7 383.7 1.01 10100 0.32 4.6 4360 1230 540 361 1 54 3.5 20.0 62 0.3
KL36-03 383.7 386.3 1.3 13000 0.27 4 590 309 280 184 2 61 8.3 22.0 85 0.21
KL36-03 386.3 389.2 1.07 10700 0.19 3 610 229 98 195 1 60 3.4 22.4 85 0.15
KL36-03 389.2 391 1.02 10200 0.31 2.7 2290 400 310 512 2 43 5.1 32.0 65 0.3
KL36-03 391 392.7 0.46 4600 0.13 1.4 1940 410 37 271 0.01 47 2 13.0 67 0.2
KL36-03 392.7 395.7 0.54 5400 0.14 1.4 990 218 40 400 0.01 30 2.3 12.9 86 0.1



Appendix V - 277 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-03 395.7 398.7 1.04 10400 0.17 2.1 740 153 30 187 0.01 23 0.6 11.5 81 0.13
KL36-03 398.7 401.7 0.89 8900 0.12 2 1220 197 11 254 0.01 25 0.2 10.0 84 0.14
KL36-03 401.7 404.7 0.74 7400 0.18 1.5 1550 264 9 101 0.01 29 0.2 11.3 74 0.13
KL36-03 404.7 407.7 0.97 9700 0.13 1.7 900 161 23 600 0.01 27 0.3 11.6 78 0.11
KL36-03 407.7 410.7 1.28 12800 0.13 2 1010 850 43 102 0.01 24 0.5 19.5 66 0.2
KL36-03 410.7 413.7 0.85 8500 0.19 1.4 1720 870 25 307 1 24 0.2 10.0 81 0.26
KL36-03 413.7 416.4 1.04 10400 0.18 1.8 660 94 61 150 2 24 0.4 15.5 88 0.25
KL36-03 416.4 419.5 0.93 9300 0.16 2 399 117 49 305 4 26 1 17.5 96 0.14
KL36-03 419.5 422.5 1.04 10400 0.17 2.7 430 107 180 117 2 28 4.5 23.5 98 0.2
KL36-03 422.5 425.5 0.88 8800 0.2 2.3 750 165 150 170 2 27 4.3 14.5 96 0.25
KL36-03 425.5 428.1 1.6 16000 0.15 3.3 105 65 30 54 2 25 0.5 26.0 136 0.16
KL36-03 428.1 429.7 0.66 6600 0.13 2.4 1530 420 180 238 0.01 15 9.9 7.0 81 0.29
KL36-03 429.7 431.7 0.9 9000 0.52 4.5 2620 510 110 180 4 28 6.1 13.0 63 0.33
KL36-03 431.7 434.7 1.1 11000 0.17 2.1 760 226 66 140 1 20 1 13.0 91 0.24
KL36-03 434.7 437.7 0.95 9500 0.1 2.3 86 80 54 154 1 20 1.4 10.5 89 0.13
KL36-03 437.7 440.7 0.95 9500 0.07 1.8 223 121 51 202 1 25 0.7 18.0 83 0.35
KL36-03 440.7 442.4 1.33 13300 0.15 3.9 301 133 40 114 1 24 0.6 22.0 94 0.4
KL36-03 442.4 444 1.41 14100 0.25 5 89 68 7 46 1 36 1 41.0 94 0.21
KL36-03 444 446.3 1.64 16400 0.32 8.4 130 74 47 66 2 53 1.1 49.0 82 0.56
KL36-03 446.3 449.4 1.99 19900 1.14 11.4 220 196 520 43 4 40 12 39.0 104 0.55
KL36-03 449.4 451.2 1.9 19000 0.79 9 56 49 7 30 3 29 0.3 42.8 88 0.01
KL36-03 451.2 452.3 2.1 21000 1.01 12.4 73 49 16 27 1 28 0.6 37.5 121 0.01
KL36-03 452.3 455.1 2.19 21900 0.5 7.3 65 39 35 107 1 44 0.4 30.5 92 0.18
KL36-03 455.1 456.5 1.51 15100 0.56 8.2 298 500 1060 193 1 52 13.5 28.5 130 0.72
KL36-03 456.5 458.7 1.55 15500 0.91 8.3 320 283 750 479 1 89 9 40.0 149 0.69
KL36-03 458.7 461.7 0.67 6700 0.66 4.3 870 1400 420 172 1 52 6.4 32.8 129 0.51
KL36-03 461.7 464.7 0.61 6100 0.27 2.5 415 194 95 188 1 47 1.2 46.0 111 0.16
KL36-03 464.7 467.7 0.99 9900 0.8 10.1 990 500 1510 152 1 19 9.6 14.5 164 0.89
KL36-03 467.7 470.7 1.75 17500 0.98 6.8 1030 880 1580 470 1 52 4.3 24.5 115 0.8
KL36-03 470.7 473.7 2.96 29600 0.97 10.6 2000 530 520 750 3 32 1.8 19.0 126 0.72
KL36-03 473.7 475.7 2.95 29500 1.75 13.5 6300 1030 530 368 3 56 7.6 24.0 167 0.93
KL36-03 475.7 477.7 1.63 16300 2.43 16.8 1030 1000 2100 7 22 93 35 13.0 76 1.61
KL36-03 477.7 479.7 0.86 8600 0.88 3.1 335 50 34 4 11 130 1.1 9.0 69 0.01
KL36-03 479.7 482.7 2.2 22000 1.5 6 850 71 16 14 6 103 0.9 12.5 56 0.01
KL36-03 482.7 485.7 1.42 14200 1.23 6 930 230 28 120 7 56 1.8 7.5 64 0.01
KL36-03 485.7 488.7 1.64 16400 1.2 6.1 1530 650 64 4 3 92 7.7 18.5 71 0.01
KL36-03 488.7 491.7 2.23 22300 1.29 16.1 1730 1140 180 5 6 75 3.8 27.5 131 0.1
KL36-03 491.7 494.7 3.33 33300 1.32 21.4 2840 2220 91 22 11 82 2.5 38.0 128 0.79
KL36-03 494.7 497.7 2.06 20600 1.17 14 2660 1810 43 213 23 65 4.1 32.5 94 0.47
KL36-03 497.7 500.7 3.4 34000 2.25 8.9 440 70 2 8 4 46 1.1 13.0 40 0.01
KL36-03 500.7 503.7 1.83 18300 1.62 6.5 190 26 12 10 12 51 2 25.5 37 0.01
KL36-03 503.7 506.7 1.22 12200 1.34 4 140 18 8 11 4 46 2.7 19.3 35 0.01
KL36-03 506.7 509.7 4.12 41200 1.81 12.6 288 43 2 7 2 36 1 8.0 29 0.01
KL36-03 509.7 512.7 1.33 13300 0.58 2.9 88 16 4 12 2 24 1.4 19.5 26 0.01
KL36-03 512.7 515.7 0.38 3800 0.42 1.7 60 7 6 46 1 25 15.9 24.2 26 0.01
KL36-03 515.7 518.7 0.68 6800 0.64 3.4 52 15 9 30 3 48 0.8 57.0 45 0.01
KL36-03 518.7 520.6 0.54 5400 0.54 2.3 51 12 9 25 3 35 1.5 21.9 49 0.01
KL36-03 520.6 522.7 1.23 12300 0.87 3.1 69 11 14 86 0.01 46 1 31.8 38 0.01
KL36-03 522.7 524.7 0.96 9600 0.71 2.5 68 14 18 42 0.01 21 1 8.5 36 0.01
KL36-03 524.7 527.7 1.56 15600 0.61 3.3 88 26 6 105 1 25 1 23.5 29 0.01
KL36-03 527.7 530.7 0.87 8700 0.46 2.7 69 11 8 13 0.01 16 1 7.4 17 0.01
KL36-03 530.7 533.7 1.06 10600 0.4 2.7 61 19 5 152 2 35 0.9 42.0 24 0.01
KL36-03 533.7 536.7 1.03 10300 0.52 2.8 65 18 6 54 1 33 1.1 20.7 41 0.01
KL36-03 536.7 539.7 1.02 10200 0.91 3 95 13 11 33 0.01 30 0.9 14.0 28 0.01
KL36-03 539.7 542.7 1.36 13600 1 4.6 146 24 2 156 0.01 41 0.01 22.0 19 0.01
KL36-03 542.7 545.7 1.8 18000 1.41 5 127 10 4 37 0.01 55 0.01 21.0 33 0.01
KL36-03 545.7 548.7 0.72 7200 0.57 2.7 91 10 2 13 1 16 0.01 6.9 32 0.01
KL36-03 548.7 551.7 1.38 13800 0.65 4.2 95 16 12 25 0.01 46 0.3 19.0 27 0.01
KL36-03 551.7 554.7 1.35 13500 0.78 4.3 91 10 4 29 0.01 32 0.01 13.5 19 0.01
KL36-03 554.7 557.7 0.76 7600 0.39 2.7 49 9 2 44 0.01 18 0.01 10.6 21 0.01
KL36-03 557.7 560.7 0.21 2100 0.23 1.5 45 11 4 50 0.01 25 0.01 36.0 21 0.01
KL36-03 560.7 562.5 0.22 2200 0.07 1.4 32 15 3 32 0.01 8 0.2 7.1 28 0.01
KL36-03 562.5 565.5 0.28 2800 0.15 1.6 64 30 18 31 2 24 0.4 13.5 28 0.01



Appendix V - 278 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-03 565.5 567.6 0.157 1570 0.04 1.1 57 28 2 22 0.01 11 0.5 12.8 23 0.01
KL36-03 567.6 569.7 0.158 1580 0.06 1 32 11 0.01 9 0.01 7 0.2 4.8 12 0.01
KL36-03 569.7 572.7 0.21 2100 0.05 1.3 321 312 31 75 0.01 10 2.1 15.0 38 0.01
KL36-03 572.7 575.7 0.305 3050 0.05 1.3 48 16 2 143 0.01 24 0.3 14.4 76 0.01
KL36-03 575.7 578.7 0.24 2400 0.11 2 58 21 3 42 1 9 0.2 16.4 34 0.01
KL36-03 578.7 581 0.071 710 0.01 1 24 7 2 14 0.01 4 0.2 6.3 27 0.01
KL36-03 581 584 0.2 2000 0.07 1.6 73 31 4 18 0.01 9 0.4 6.5 33 0.01
KL36-03 584 587 0.27 2700 0.07 1.5 43 12 0.01 89 0.01 11 0.3 6.3 33 0.01
KL36-03 587 590 0.106 1060 0.09 0.7 40 10 0.01 14 0.01 14 0.01 7.8 35 0.01
KL36-03 590 593.2 0.58 5800 0.21 2.1 50 7 0.01 107 0.01 16 0.01 13.2 43 0.01
KL36-03 593.2 596.2 0.32 3200 0.34 1.6 68 10 0.01 50 0.01 8 0.2 9.5 35 0.01
KL36-03 596.2 599.3 0.34 3400 0.15 1.2 32 6 0.01 20 0.01 15 0.4 16.3 22 0.01
KL36-03 599.3 602.4 0.173 1730 0.11 1.2 27 5 0.01 22 0.01 7 0.01 10.8 29 0.01
KL36-03 602.4 605.6 0.68 6800 0.36 2.9 62 24 8 63 0.01 16 0.2 15.3 74 0.01
KL36-03 605.6 608.7 0.26 2600 0.16 1.6 39 11 2 9 0.01 10 0.01 5.8 32 0.01
KL36-03 608.7 611.7 0.23 2300 0.12 0.9 40 15 3 79 0.01 6 0.01 3.8 29 0.01
KL36-03 611.7 614.7 0.2 2000 0.12 1.3 36 12 2 19 0.01 6 0.01 5.8 25 0.01
KL36-03 614.7 617.7 0.23 2300 0.17 2.4 1640 165 23 23 6 8 0.6 7.3 19 0.01
KL36-03 617.7 620.7 0.21 2100 0.07 1.4 60 34 0.01 7 0.01 7 0.01 6.4 72 0.01
KL36-03 620.7 623.7 0.454 4540 0.29 1.6 51 8 1 49 0.01 10 0.01 6.0 31 0.01
KL36-03 623.7 626.5 0.57 5700 0.25 2.1 68 9 3 18 0.01 16 0.01 7.0 46 0.01
KL36-03 626.5 629.6 0.26 2600 0.15 1.4 57 10 5 63 0.01 9 0.2 4.5 46 0.01
KL36-03 629.6 631.6 0.154 1540 0.06 0.9 35 13 3 31 0.01 6 0.01 4.3 46 0.01
KL36-03 631.6 633.3 0.21 2100 0.07 1.2 45 12 1 37 0.01 8 0.01 6.5 33 0.01
KL36-03 633.3 635.7 0.136 1360 0.06 0.8 75 31 14 115 0.01 8 0.01 5.6 35 0.01
KL36-03 635.7 637.4 0.078 780 0.02 0.6 33 12 2 44 0.01 5 0.01 1.3 64 0.01
KL36-03 637.4 639.4 0.065 650 0.02 0.7 28 10 3 231 0.01 5 0.2 1.0 37 0.01
KL36-03 639.4 642.5 0.3 3000 0.14 1.5 75 27 3 253 1 12 0.2 7.3 59 0.01
KL36-03 642.5 644.7 0.466 4660 0.11 1.9 85 17 1 510 0.01 10 0.3 8.3 66 0.01
KL36-03 644.7 647.7 0.27 2700 0.12 1.6 87 30 14 367 0.01 14 0.2 11.8 106 0.01
KL36-03 647.7 650.7 0.109 1090 0.06 0.6 51 16 9 104 0.01 16 0.01 2.3 31 0.01
KL36-03 650.7 653.7 0.482 4820 0.27 1.7 151 56 34 137 2 25 0.7 12.7 81 0.01
KL36-03 653.7 655.6 0.061 610 0.03 0.6 61 17 3 38 0.01 13 0.2 1.5 20 0.01
KL36-03 655.6 658.7 0.163 1630 0.02 0.6 61 27 0.01 193 0.01 8 0.01 4.8 18 0.01
KL36-03 658.7 661.8 0.107 1070 0.02 0.7 118 39 12 54 0.01 12 0.01 4.8 13 0.01
KL36-03 661.8 664.9 0.17 1700 0.03 0.6 76 21 3 167 0.01 13 0.2 5.3 21 0.01
KL36-03 664.9 668 0.152 1520 0.03 0.7 80 22 3 94 0.01 15 0.01 9.8 28 0.01
KL36-03 668 669.8 0.156 1560 0.07 0.6 46 13 5 40 0.01 8 0.3 5.8 81 0.01
KL36-03 669.8 671.7 0.067 670 0.02 0.7 28 11 0.01 36 0.01 4 0.01 1.9 111 0.01
KL36-03 671.7 674.7 0.074 740 0.01 0.6 25 9 2 76 0.01 4 0.01 1.0 48 0.01
KL36-03 674.7 677.7 0.184 1840 0.04 1 45 11 0.01 39 0.01 5 0.01 3.0 60 0.01
KL36-03 677.7 680.7 0.189 1890 0.1 1 56 19 0.01 81 0.01 8 0.01 5.1 32 0.01
KL36-03 680.7 683.7 0.084 840 0.03 0.5 27 13 0.01 20 1 7 0.01 3.3 15 0.01
KL36-03 683.7 686.7 0.108 1080 0.03 1.1 91 189 0.01 38 0.01 8 0.2 6.8 14 0.01
KL36-03 686.7 689.7 0.132 1320 0.04 0.9 128 88 3 197 1 8 0.2 6.0 24 0.01
KL36-03 689.7 692.7 0.184 1840 0.05 1.1 53 24 0.01 54 0.01 8 0.01 4.0 37 0.01
KL36-03 692.7 695.7 0.26 2600 0.12 1.6 118 58 15 93 2 10 0.6 10.5 16 0.01
KL36-03 695.7 698.7 0.182 1820 0.12 1.1 38 14 0.01 30 0.01 4 0.01 2.3 7 0.01
KL36-03 698.7 700.8 0.3 3000 0.2 1 39 11 0.01 125 0.01 15 0.01 17.7 16 0.01
KL36-03 700.8 703.1 0.075 750 0.05 0.5 21 8 2 59 0.01 5 0.01 3.8 14 0.01
KL36-03 703.1 704.7 0.145 1450 0.04 0.9 20 7 0.01 70 0.01 3 0.01 1.0 9 0.01
KL36-03 704.7 707.7 1.04 10400 0.53 2.4 86 8 1 35 0.01 35 0.01 8.3 27 0.01
KL36-03 707.7 710.7 0.369 3690 0.19 1.3 50 17 5 45 0.01 9 0.01 7.8 30 0.01
KL36-03 710.7 712.8 0.25 2500 0.12 1.2 42 15 2 124 0.01 12 0.01 7.3 18 0.01
KL36-03 712.8 715.1 0.81 8100 0.47 2.3 102 60 3 114 1 19 1.3 9.9 39 0.01
KL36-03 715.1 716.7 1.37 13700 0.36 1.9 30 10 2 211 0.01 11 0.8 5.5 51 0.01
KL36-03 716.7 719.7 1.67 16700 0.92 5.3 133 13 2 7 1 44 0.01 15.5 24 0.01
KL36-03 719.7 722.7 2.78 27800 1.84 6.5 152 11 2 14 0.01 60 0.01 12.0 32 0.01
KL36-03 722.7 725.7 0.21 2100 0.11 0.9 54 9 3 37 0.01 19 0.01 6.3 21 0.01
KL36-03 725.7 728.7 0.419 4190 0.29 1.3 75 21 3 20 0.01 18 0.01 5.3 28 0.01
KL36-03 728.7 731.2 0.78 7800 0.69 2.7 105 9 2 13 0.01 25 0.5 10.0 44 0.01
KL36-03 731.2 732.8 0.67 6700 0.53 2.2 157 14 0.01 8 0.01 35 0.5 10.1 47 0.01
KL36-03 732.8 735.7 1.68 16800 1.63 5.4 161 9 3 20 0.01 45 0.5 15.5 33 0.01



Appendix V - 279 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-03 735.7 737.7 0.487 4870 0.45 1.9 90 7 0.01 10 0.01 20 0.4 9.0 37 0.01
KL36-03 737.7 740.7 0.58 5800 0.41 2.1 89 21 3 57 0.01 24 0.2 11.9 47 0.01
KL36-03 740.7 743.7 0.433 4330 0.33 1.8 68 11 5 43 0.01 25 0.2 10.3 34 0.01
KL36-03 743.7 745.7 0.68 6800 0.49 2.3 129 50 4 55 1 24 0.4 10.5 48 0.01
KL36-03 745.7 748.4 0.63 6300 0.77 2.5 157 121 4 10 3 22 0.01 8.0 30 0.01
KL36-03 748.4 749.7 0.55 5500 0.57 2.4 69 15 5 24 2 16 0.01 6.0 35 0.01
KL36-03 749.7 752.7 0.53 5300 0.35 1.9 68 14 5 33 0.01 25 0.01 14.5 45 0.01
KL36-03 752.7 755.5 0.51 5100 0.38 2 62 17 4 42 1 25 0.01 12.5 26 0.01
KL36-03 755.5 758.5 0.2 2000 0.07 1 39 9 0.01 27 1 12 0.01 8.0 15 0.01
KL36-03 758.5 761.5 0.115 1150 0.03 0.8 33 7 2 71 0.01 9 0.01 3.8 31 0.01
KL36-03 761.5 762.8 0.385 3850 0.23 1.3 64 9 0.01 140 0.01 28 0.01 8.5 25 0.01
KL36-04 0 5 0.0034 34 0.02 0.1 116 51 2 1 0.01 1 0.5 0.9 10 0.01
KL36-04 5 8 0.0023 23 0.05 0.1 134 72 6 1 0.01 1 0.7 1.7 15 0.01
KL36-04 8 11 0.0022 22 0.04 0.1 215 136 5 1 0.01 1 1 1.6 13 0.01
KL36-04 11 13.5 0.0039 39 0.08 2.8 670 570 10 1 0.01 1 2.4 2.4 17 0.01
KL36-04 13.5 16.5 0.0032 32 0.05 0.5 165 47 7 2 0.01 1 0.8 1.0 16 0.01
KL36-04 16.5 18 0.0057 57 0.07 1.1 274 110 15 2 0.01 1 2.3 2.8 23 0.01
KL36-04 18 20 0.0046 46 0.05 0.1 159 35 6 3 0.01 1 1.2 0.8 19 0.01
KL36-04 20 23 0.0101 101 0.04 0.1 122 22 5 3 0.01 1 0.7 0.8 18 0.01
KL36-04 23 26 0.0038 38 0.03 0.1 170 112 8 2 0.01 2 1.4 1.2 24 0.01
KL36-04 26 29 0.0076 76 0.06 1 372 331 12 5 0.01 1 1.7 3.2 21 0.01
KL36-04 29 32 0.0031 31 0.04 0.1 114 38 7 3 0.01 1 1.4 1.3 22 0.01
KL36-04 32 35 0.03 300 0.05 0.5 212 52 15 6 0.01 1 1.2 1.6 19 0.01
KL36-04 35 38 0.0032 32 0.01 0.1 35 21 13 3 0.01 1 0.5 1.0 26 0.01
KL36-04 38 41 0.0023 23 0.04 0.1 119 25 11 3 0.01 1 1.4 1.2 24 0.01
KL36-04 41 44 0.0048 48 0.08 0.6 279 76 12 2 0.01 1 1.6 1.2 26 0.13
KL36-04 44 47 0.0076 76 0.06 0.1 231 79 7 1 0.01 1 1.5 1.8 25 0.1
KL36-04 47 50 0.0074 74 0.04 0.1 81 24 10 2 0.01 2 1.3 1.1 29 0.01
KL36-04 50 53 0.0045 45 0.14 0.5 108 23 10 2 0.01 1 1.3 1.9 38 0.1
KL36-04 53 56 0.0039 39 0.06 0.1 71 37 11 2 0.01 1 1.4 1.6 30 0.01
KL36-04 56 59 0.0093 93 0.05 1.2 460 294 28 1 0.01 1 14 10.0 27 0.01
KL36-04 59 61 0.0029 29 0.03 0.1 51 17 14 1 0.01 1 0.8 1.4 22 0.01
KL36-04 61 64 0.004 40 0.01 0.1 18 11 9 3 0.01 1 0.5 0.9 25 0.01
KL36-04 64 67.1 0.0049 49 0.02 0.1 28 16 12 2 0.01 1 0.6 0.6 26 0.01
KL36-04 67.1 70.2 0.0033 33 0.04 0.1 48 17 7 2 0.01 1 0.7 1.5 20 0.01
KL36-04 70.2 73.3 0.0011 11 0.06 0.1 84 53 12 3 0.01 1 1.5 1.2 39 0.01
KL36-04 73.3 75.4 0.0041 41 0.08 0.1 123 83 14 2 0.01 1 1 2.8 28 0.01
KL36-04 75.4 77 0.0074 74 0.04 0.1 33 18 9 2 0.01 1 4.9 1.3 36 0.01
KL36-04 77 80 0.0012 12 0.01 0.1 78 94 8 1 0.01 1 1.1 1.3 32 0.01
KL36-04 80 83 0.0038 38 0.1 0.1 34 19 13 1 0.01 1 0.9 1.5 31 0.1
KL36-04 83 86 0.0024 24 0.03 0.1 42 19 12 2 0.01 1 0.9 1.9 28 0.01
KL36-04 86 88.5 0.0052 52 0.04 0.1 145 38 16 7 0.01 1 2 3.5 25 0.01
KL36-04 88.5 91.5 0.0033 33 0.03 0.1 114 21 10 6 1 1 0.7 2.0 25 0.01
KL36-04 91.5 93.8 0.0057 57 0.1 0.1 183 107 11 4 0.01 1 1.2 2.3 26 0.1
KL36-04 93.8 97.1 0.0077 77 0.09 0.1 128 48 12 3 0.01 1 1.5 1.2 23 0.01
KL36-04 97.1 99.7 0.0095 95 0.07 0.1 80 34 11 3 0.01 1 1.5 1.6 25 0.01
KL36-04 99.7 101 0.0068 68 0.08 0.1 142 31 7 4 0.01 1 1 1.7 27 0.01
KL36-04 101 103.8 0.0073 73 0.08 0.1 116 45 12 4 0.01 1 1.4 1.6 32 0.01
KL36-04 103.8 106.6 0.0088 88 0.12 0.7 199 85 11 3 0.01 1 1.8 1.4 33 0.01
KL36-04 106.6 110 0.0021 21 0.1 0.5 149 63 11 3 0.01 1 1.9 1.4 43 0.01
KL36-04 110 113 0.0027 27 0.08 0.1 94 43 7 2 0.01 1 2.6 1.9 28 0.01
KL36-04 113 115.5 0.0037 37 0.09 0.1 82 38 8 3 0.01 1 2.2 1.9 21 0.01
KL36-04 115.5 117.5 0.0024 24 0.02 0.6 46 30 16 4 0.01 1 0.8 1.7 18 0.01
KL36-04 117.5 120.5 0.003 30 0.04 0.7 53 27 15 9 0.01 1 1.2 1.5 19 0.1
KL36-04 120.5 123.5 0.0027 27 0.01 0.1 34 25 14 3 0.01 1 0.9 1.6 22 0.01
KL36-04 123.5 126.4 0.0015 15 0.01 0.7 64 46 22 3 0.01 1 1.4 1.6 25 0.01
KL36-04 126.4 129 0.0014 14 0.02 0.1 28 22 6 2 0.01 1 0.8 0.9 19 0.01
KL36-04 129 132 0.0015 15 0.08 0.7 34 26 12 3 0.01 1 1.2 1.6 20 0.01
KL36-04 132 134 0.002 20 0.14 1 95 45 14 2 0.01 1 2.4 2.3 20 0.13
KL36-04 134 136.8 0.0022 22 0.14 0.8 70 45 18 2 0.01 1 2.6 2.3 19 0.15
KL36-04 136.8 140 0.002 20 0.16 1.8 124 127 29 3 0.01 1 3.9 3.0 19 0.2
KL36-04 140 142 0.0024 24 0.25 0.6 42 22 15 3 0.01 1 1.4 2.8 23 0.22
KL36-04 142 145.2 0.0052 52 0.18 0.1 29 24 18 4 0.01 1 1.6 3.4 24 0.27



Appendix V - 280 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-04 145.2 148.3 0.0036 36 0.09 0.1 124 120 23 4 0.01 1 1.4 2.9 23 0.15
KL36-04 148.3 151.4 0.0025 25 0.05 0.7 368 297 20 3 0.01 1 1.5 6.0 21 0.1
KL36-04 151.4 154.4 0.0017 17 0.04 0.1 198 215 20 3 0.01 1 2.2 3.4 24 0.1
KL36-04 154.4 157.4 0.0037 37 0.03 0.1 71 54 19 4 0.01 1 1.4 2.8 26 0.1
KL36-04 157.4 160.4 0.0035 35 0.03 0.1 49 60 23 5 0.01 1 1.3 2.7 25 0.1
KL36-04 160.4 163.5 0.0043 43 0.18 0.1 68 60 36 4 1 1 4.3 2.4 28 0.1
KL36-04 163.5 166.6 0.0022 22 0.06 0.1 30 23 18 3 0.01 1 1.3 1.7 23 0.1
KL36-04 166.6 169.6 0.0118 118 0.25 2.4 339 480 47 4 6 6 16.1 18.0 40 0.1
KL36-04 169.6 172.6 0.0016 16 0.08 3.6 97 81 25 2 0.01 1 4 1.8 26 0.12
KL36-04 172.6 175.7 0.0025 25 0.38 5.1 90 54 42 4 0.01 1 4.1 8.4 33 0.17
KL36-04 175.7 179 0.0016 16 0.43 1.7 68 68 31 4 0.01 1 5.3 3.0 29 0.14
KL36-04 179 182 0.0008 8 0.25 0.1 27 32 21 2 0.01 1 2.4 3.9 26 0.11
KL36-04 182 185 0.0058 58 0.18 2.4 59 96 35 3 0.01 1 9.8 3.9 25 0.12
KL36-04 185 188 0.0026 26 0.3 0.8 55 95 40 4 0.01 1 3.2 3.7 30 0.2
KL36-04 188 191 0.0013 13 0.2 0.1 54 83 18 2 0.01 1 1.7 2.1 29 0.1
KL36-04 191 194 0.0031 31 0.11 0.8 73 112 23 3 1 3 2.2 3.1 34 0.01
KL36-04 194 197 0.0021 21 0.32 0.7 46 63 32 3 2 3 1.3 4.1 40 0.11
KL36-04 197 199 0.0016 16 0.3 0.6 42 64 70 4 1 1 2.9 2.1 39 0.11
KL36-04 199 202 0.0017 17 0.29 0.6 98 174 34 3 0.01 1 1.6 2.4 27 0.1
KL36-04 202 204.7 0.0014 14 0.61 0.6 49 62 32 2 0.01 1 1.7 2.4 26 0.15
KL36-04 204.7 207.7 0.0099 99 0.6 1.7 201 173 49 3 3 1 8.2 5.7 31 0.1
KL36-04 207.7 210.5 0.0014 14 0.54 2.1 192 750 50 3 2 1 2.5 3.1 40 0.2
KL36-04 210.5 213.6 0.0048 48 0.49 1.7 124 730 90 3 1 1 2.5 15.3 43 0.11
KL36-04 213.6 216.7 0.008 80 0.74 1.7 238 560 110 4 2 1 3.8 6.6 36 0.19
KL36-04 216.7 219.1 0.012 120 1.21 3 630 378 180 6 7 4 13.7 11.5 63 0.27
KL36-04 219.1 224 0.0319 319 1.46 23.9 8700 10900 190 60 32 4 23 64.0 49 0.21
KL36-04 224 227 0.0074 74 0.38 2.7 670 540 100 5 2 2 13.7 7.9 30 0.19
KL36-04 227 230 0.0102 102 0.29 2.3 287 319 80 7 6 6 10.1 10.5 40 0.01
KL36-04 230 233 0.0109 109 0.27 3.8 389 540 81 5 8 7 16.8 22.0 36 0.1
KL36-04 233 235.2 0.49 4900 1.6 248 165000 125000 700 26 289 26 530 2250.0 49 0.36
KL36-04 235.2 238.4 0.099 990 1.3 73 15800 14600 230 24 113 7 200 315.0 31 1.67
KL36-04 238.4 241.6 0.0202 202 0.31 5.7 870 770 91 11 9 7 17.9 22.5 30 0.11
KL36-04 241.6 244.7 0.19 1900 0.39 20.7 16000 6900 100 56 26 10 16.9 88.0 69 0.12
KL36-04 244.7 248 0.0081 81 0.28 2.7 420 570 100 19 6 6 8.3 19.5 43 0.01
KL36-04 248 251 0.144 1440 0.92 80 60700 69500 350 113 35 8 110 290.0 50 0.3
KL36-04 251 254 0.0259 259 0.57 22.8 9200 11300 240 54 28 5 27 65.0 33 0.18
KL36-04 254 257 0.206 2060 0.4 23.9 23400 9100 63 76 29 9 10.5 81.0 45 0.13
KL36-04 257 260 0.161 1610 0.92 54 12200 12700 440 92 43 8 510 140.0 64 0.8
KL36-04 260 263 0.0264 264 3.21 45 14800 14200 570 44 6 3 130 150.0 31 0.92
KL36-04 263 266 0.169 1690 4.61 120 43600 85500 560 57 16 10 340 1100.0 53 0.01
KL36-04 266 268 0.0059 59 0.22 2.1 470 366 40 3 2 3 11 11.0 26 0.1
KL36-04 268 271 0.0072 72 0.17 3.5 930 1060 51 9 3 2 15.3 24.5 21 0.1
KL36-04 271 274.2 0.0062 62 0.28 3.4 1120 800 130 4 0.01 1 6.7 12.5 18 0.22
KL36-04 274.2 277.4 0.043 430 1.24 49 20300 21400 370 26 2 3 38 340.0 32 0.65
KL36-04 277.4 280.6 0.059 590 1.13 92 23200 27200 580 73 6 3 115 200.0 62 1.82
KL36-04 280.6 283.7 0.0224 224 1.44 55 15200 13700 560 33 22 5 46 225.0 46 0.58
KL36-04 283.7 286.8 0.0154 154 0.89 24.7 10900 10100 420 28 20 5 34 173.0 33 0.23
KL36-04 286.8 289.9 0.0046 46 0.3 4.3 750 1280 290 10 0.01 4 19.4 24.1 26 0.2
KL36-04 289.9 292.9 0.0027 27 0.28 6 284 560 200 5 0.01 2 10.8 11.0 24 0.14
KL36-04 292.9 296 0.0055 55 0.49 4.5 1240 1090 310 8 0.01 2 11.2 18.8 17 0.33
KL36-04 296 299 0.0026 26 0.16 1.1 172 167 110 3 0.01 1 3.3 4.0 23 0.21
KL36-04 299 302 0.0044 44 0.35 7.4 2580 1400 180 7 0.01 1 14.4 9.5 26 1
KL36-04 302 303.4 0.006 60 0.19 9.8 4780 5000 86 4 0.01 1 18.8 4.8 17 0.78
KL36-04 303.4 306.5 0.0081 81 0.35 3 680 680 140 5 0.01 1 14.5 6.0 20 0.4
KL36-04 306.5 309.5 0.0195 195 0.52 2.3 216 180 180 5 0.01 3 7.1 6.4 23 0.3
KL36-04 309.5 312.6 0.0096 96 1.02 11.5 2600 3100 480 5 1 4 81 48.0 26 0.85
KL36-04 312.6 315.7 0.0281 281 1.47 36 11800 12000 1560 2 28 4 218 120.0 49 2.38
KL36-04 315.7 318.8 0.057 570 1.18 38 11200 6600 1350 3 5 2 169 90.0 34 1.09
KL36-04 318.8 321.9 0.0085 85 1.31 15.3 3860 2700 410 15 1 3 85 32.9 30 0.88
KL36-04 321.9 324.9 0.0034 34 0.79 4.6 780 540 130 7 0.01 1 22 13.3 24 0.27
KL36-04 324.9 328 0.0017 17 0.33 1.6 80 79 32 8 0.01 3 3.2 3.0 17 0.01
KL36-04 328 331.1 0.0064 64 1.88 11.3 1390 550 220 14 1 4 37 17.8 32 0.56
KL36-04 331.1 334.1 0.054 540 3.08 54 15600 13400 570 58 13 4 74 150.0 28 1.48



Appendix V - 281 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-04 334.1 337.2 0.0178 178 1.75 33 8500 4700 440 22 4 3 59 61.0 37 0.81
KL36-04 337.2 340.4 0.0354 354 2.21 107 14700 13500 670 17 2 3 110 130.0 58 1.62
KL36-04 340.4 342.7 0.0053 53 0.38 3 420 331 98 5 0.01 2 96 7.5 14 0.19
KL36-04 342.7 345.9 0.0043 43 0.67 3.1 351 247 87 7 0.01 2 14.1 6.5 16 0.24
KL36-04 345.9 349 0.0045 45 0.92 4.2 341 195 170 9 0.01 3 800 10.8 18 0.51
KL36-04 349 352 0.0053 53 0.96 5.9 344 290 120 10 0.01 2 17 15.8 24 0.48
KL36-04 352 354.4 0.0032 32 0.44 3.2 178 279 50 6 0.01 1 9.5 5.8 23 0.17
KL36-04 354.4 357.5 0.0057 57 0.72 5.7 780 720 240 14 0.01 3 13.2 20.3 25 0.4
KL36-04 357.5 360.5 0.0048 48 0.43 4.8 600 620 200 10 0.01 4 13.5 15.0 25 0.38
KL36-04 360.5 363.5 0.0048 48 0.32 2.8 316 293 210 11 0.01 4 10.3 14.0 27 0.26
KL36-04 363.5 366.5 0.0073 73 0.26 8.3 1160 940 230 9 0.01 3 10.3 20.5 28 0.3
KL36-04 366.5 369.5 0.0046 46 0.21 6.1 610 880 110 10 0.01 4 7.3 18.3 24 0.2
KL36-04 369.5 372.5 0.0091 91 0.28 7.3 3510 2800 63 7 1 1 11.5 14.0 15 0.37
KL36-04 372.5 375.5 0.007 70 0.78 6.8 630 500 140 9 0.01 1 12.1 11.8 29 0.28
KL36-04 375.5 378.7 0.011 110 0.23 3.5 1480 830 84 7 0.01 2 6.3 9.3 16 0.18
KL36-04 378.7 380 0.0036 36 0.15 1.1 62 78 37 6 0.01 2 2.2 4.5 13 0.13
KL36-04 380 383 0.0361 361 0.42 5.1 1160 309 150 20 1 4 5 9.0 20 0.36
KL36-04 383 384.4 0.0087 87 0.67 2.8 375 550 120 8 1 3 8.6 9.5 20 0.37
KL36-04 384.4 387.5 0.0046 46 0.44 2.1 122 98 29 3 0.01 2 5.4 3.9 19 0.18
KL36-04 387.5 390.5 0.0053 53 0.27 4.8 278 241 36 5 1 2 4.1 7.8 14 0.17
KL36-04 390.5 393.5 0.0074 74 0.39 1.6 274 156 58 8 1 1 6.7 7.5 32 0.3
KL36-04 393.5 396.5 0.0047 47 0.26 1.3 323 250 61 7 1 1 5.7 8.3 29 0.21
KL36-04 396.5 399.5 0.0047 47 0.28 1.2 167 102 52 6 0.01 1 5.4 4.8 24 0.3
KL36-04 399.5 402.5 0.0254 254 0.26 2.9 910 259 63 14 1 1 3.5 7.5 23 0.21
KL36-04 402.5 405.5 0.0135 135 0.33 34.2 2570 2700 80 12 5 2 11.5 43.0 23 0.56
KL36-04 405.5 408.6 0.013 130 0.34 37 2430 2300 110 6 7 2 12.3 53.0 20 0.46
KL36-04 408.6 411.6 0.0076 76 0.06 1.1 379 160 24 9 1 1 2 5.0 16 0.01
KL36-04 411.6 413.1 0.0029 29 0.32 1.2 94 88 28 2 0.01 1 5.5 3.5 18 0.12
KL36-04 413.1 416 0.0226 226 0.1 3 1720 840 60 30 4 2 4 23.5 18 0.15
KL36-04 416 419 0.041 410 0.08 3.2 5380 760 68 48 4 2 3.7 13.5 18 0.24
KL36-04 419 422 0.0327 327 0.07 10.1 4060 2600 73 76 5 2 10.6 18.8 29 0.16
KL36-04 422 425 0.0231 231 0.08 2.7 1790 690 73 30 4 1 3.9 18.3 20 0.13
KL36-04 425 428 0.0315 315 0.07 7.2 4490 1100 54 40 3 3 3.1 13.5 21 0.15
KL36-04 428 431 0.046 460 0.17 3.6 3720 1200 68 87 5 4 5 18.3 20 0.11
KL36-04 431 434 0.055 550 0.07 2.2 1190 303 67 89 5 2 3 13.3 21 0.11
KL36-04 434 437 0.0147 147 0.13 57 22000 15600 120 44 2 1 42 34.5 27 0.13
KL36-04 437 439.3 0.0048 48 0.08 7.5 1370 680 52 14 0.01 1 4.8 10.5 35 0.01
KL36-04 439.3 442.4 0.0066 66 0.01 7.9 580 460 37 10 1 1 1.7 6.5 17 0.01
KL36-04 442.4 445.4 0.0128 128 0.35 6.5 3200 1480 85 39 1 1 5.6 20.7 21 0.31
KL36-04 445.4 447.7 0.0171 171 0.04 4.2 520 264 50 35 1 1 1.9 6.8 18 0.01
KL36-04 447.7 450 0.0043 43 0.08 4.5 940 440 35 8 1 1 2.7 7.8 16 0.1
KL36-04 450 452 0.0314 314 0.34 4.9 2890 1200 76 63 3 1 6.6 17.9 22 0.3
KL36-04 452 455 0.0167 167 0.13 4.7 4060 1530 63 57 6 1 4.1 24.8 17 0.11
KL36-04 455 457.3 0.0201 201 0.61 69 29200 21800 210 36 3 3 72 39.0 33 0.43
KL36-04 457.3 460.4 0.064 640 0.16 17 12800 6000 95 154 20 4 16 71.0 28 0.42
KL36-04 460.4 463 0.053 530 0.14 8.5 9300 4100 45 111 16 3 11 40.0 23 0.18
KL36-04 463 465.7 0.0085 85 0.08 3.4 1540 840 30 26 3 1 4.7 17.0 24 0.01
KL36-04 465.7 468.7 0.0191 191 0.06 2.2 1640 940 78 37 1 1 5.8 19.0 23 0.01
KL36-04 468.7 471.7 0.045 450 0.05 1.1 331 192 34 94 1 1 2.4 4.8 26 0.01
KL36-04 471.7 474.4 0.0293 293 0.05 1.2 355 344 54 40 1 1 4.1 6.5 21 0.01
KL36-04 474.4 477 0.0083 83 0.11 1 350 210 32 26 1 1 2.6 0.0 24 0.01
KL36-04 477 479 0.0084 84 0.08 0.9 415 169 24 43 1 1 2.2 9.0 27 0.01
KL36-04 479 482 0.0076 76 0.05 1 710 165 27 64 1 1 2.3 10.3 26 0.01
KL36-04 482 485 0.0187 187 0.06 0.9 520 123 30 82 1 1 1.8 7.5 26 0.01
KL36-04 485 488 0.012 120 0.13 1 970 150 41 149 5 1 2.3 8.8 25 0.01
KL36-04 488 491 0.0141 141 0.05 0.9 590 354 36 118 2 1 2.3 6.5 22 0.01
KL36-04 491 494 0.01 100 0.12 0.8 1020 237 29 43 4 1 3.2 6.8 22 0.01
KL36-04 494 496.3 0.0213 213 0.14 7.6 3060 1830 110 68 2 1 10.8 14.0 24 0.1
KL36-04 496.3 498.5 0.0031 31 0.12 1 600 690 14 10 0.01 1 1.3 2.5 28 0.01
KL36-04 498.5 501.5 0.019 190 0.21 5.4 3760 1700 110 54 3 1 8.1 12.5 22 0.1
KL36-04 501.5 504.5 0.0223 223 0.14 2.1 4910 620 77 187 16 1 3.5 21.8 30 0.1
KL36-04 504.5 507.5 0.0337 337 0.25 2.2 6200 610 120 368 20 2 4.9 26.9 34 0.13
KL36-04 507.5 510.3 0.0223 223 0.18 1.5 2650 263 80 283 11 1 1.4 18.0 30 0.1



Appendix V - 282 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-04 510.3 512 0.0076 76 0.09 0.7 750 398 23 87 6 1 1.8 6.0 23 0.01
KL36-04 512 515 0.0097 97 0.07 1.6 2380 1600 38 159 9 1 2.8 10.0 24 0.1
KL36-04 515 517.4 0.009 90 0.08 2 2040 1230 38 131 8 1 1.8 17.5 23 0.1
KL36-04 517.4 520.4 0.0045 45 0.07 1.1 370 345 24 32 2 1 1.3 7.0 21 0.1
KL36-04 520.4 523.6 0.0034 34 0.12 1.5 580 850 43 20 3 1 1.4 9.5 23 0.1
KL36-04 523.6 525.8 0.0059 59 0.11 5.4 3170 2000 38 14 0.01 1 8.6 11.0 28 0.12
KL36-04 525.8 528.2 0.0059 59 0.04 1.5 1040 1020 25 12 0.01 1 2 7.0 22 0.1
KL36-04 528.2 530 0.0027 27 0.11 2.8 1070 850 32 6 0.01 1 3.8 11.0 18 0.2
KL36-04 530 532.7 0.0031 31 0.11 3.7 3480 2890 32 13 0.01 1 3.2 12.3 20 0.33
KL36-04 532.7 535.8 0.0019 19 0.1 3.3 930 1380 34 7 0.01 1 2 9.7 22 0.15
KL36-04 535.8 539.2 0.0036 36 0.11 5.7 3570 3300 38 2 0.01 1 7.4 10.5 22 0.15
KL36-04 539.2 542 0.004 40 0.04 1.3 1270 690 23 20 2 1 1.2 7.0 22 0.01
KL36-04 542 545 0.0047 47 0.51 2.6 364 369 63 5 0.01 1 7 8.0 31 0.18
KL36-04 545 548 0.0083 83 0.29 6.6 2210 2000 35 2 0.01 1 10.2 16.0 22 0.34
KL36-04 548 551 0.0049 49 0.08 4.5 3750 3000 33 3 0.01 1 6.4 6.3 22 0.01
KL36-04 551 554.2 0.0052 52 0.22 2.3 890 490 36 3 0.01 1 3.9 10.5 21 0.15
KL36-04 554.2 556.3 0.0021 21 0.08 1.8 273 500 43 2 1 1 2.6 11.5 18 0.01
KL36-04 556.3 559.3 0.0054 54 0.58 3.6 384 870 160 9 1 3 9.3 15.3 28 0.2
KL36-04 559.3 560.5 0.0078 78 0.05 1.1 269 311 22 1 0.01 1 1.4 7.0 17 0.01
KL36-04 560.5 562.5 0.0059 59 0.07 1 202 237 170 3 3 11 3.3 9.0 22 0.01
KL36-04 562.5 563 0.0142 142 0.26 7.7 7700 1320 240 3 4 1 40 15.8 23 0.65
KL36-05 0 2.5 0.0047 47 0.02 0.1 185 82 10 2 0.01 1 0.6 1.2 15 0.01
KL36-05 2.5 5.5 0.0051 51 0.03 0.1 177 51 9 1 0.01 1 0.6 0.6 16 0.01
KL36-05 5.5 8.5 0.0043 43 0.02 0.1 190 70 11 3 0.01 2 0.7 1.8 16 0.01
KL36-05 8.5 11.5 0.0106 106 0.02 0.1 337 115 10 5 0.01 1 0.7 1.1 36 0.01
KL36-05 11.5 14.5 0.0024 24 0.04 0.5 490 182 11 2 0.01 1 1 1.6 20 0.01
KL36-05 14.5 17.5 0.0027 27 0.02 0.1 400 143 6 5 0.01 1 1 1.4 18 0.01
KL36-05 17.5 20 0.0173 173 0.05 0.1 386 188 14 3 0.01 1 0.8 0.7 26 0.01
KL36-05 20 23 0.0076 76 0.03 0.7 361 129 11 2 0.01 2 0.9 1.3 23 0.01
KL36-05 23 26.5 0.0089 89 0.1 0.9 830 319 20 3 0.01 1 2 1.5 63 0.01
KL36-05 26.5 29.5 0.0119 119 0.07 0.6 580 332 9 6 0.01 1 1.6 1.3 34 0.01
KL36-05 29.5 32.5 0.0057 57 0.03 0.1 368 254 12 2 0.01 1 1.7 1.3 22 0.01
KL36-05 32.5 35 0.0034 34 0.02 0.1 920 316 11 1 0.01 1 3.6 1.9 22 0.01
KL36-05 35 38.1 0.0092 92 0.02 0.5 1740 520 19 5 0.01 1 5.5 1.4 20 0.01
KL36-05 38.1 41.2 0.0203 203 0.02 0.5 510 135 18 5 0.01 1 2.1 1.0 20 0.01
KL36-05 41.2 44.5 0.0057 57 0.04 0.5 1040 363 14 3 0.01 1 2.8 1.6 12 0.01
KL36-05 44.5 47.5 0.0128 128 0.01 0.1 284 121 8 4 0.01 1 0.7 1.3 17 0.01
KL36-05 47.5 50.5 0.0132 132 0.01 0.1 137 86 27 5 0.01 1 1.6 0.9 24 0.01
KL36-05 50.5 53.5 0.0103 103 0.04 1.4 1680 710 33 5 0.01 6 5 2.7 25 0.13
KL36-05 53.5 56.5 0.0051 51 0.01 0.7 510 240 18 5 0.01 2 1.5 1.5 23 0.01
KL36-05 56.5 59.5 0.0051 51 0.01 0.1 137 86 15 2 0.01 1 1.3 0.7 21 0.01
KL36-05 59.5 62.5 0.0045 45 0.01 0.7 490 410 13 2 0.01 1 0.7 1.3 18 0.01
KL36-05 62.5 65.5 0.014 140 0.12 6.6 5080 3670 35 3 6 1 16 8.5 16 0.33
KL36-05 65.5 68.5 0.0062 62 0.05 0.1 351 312 16 3 0.01 1 1.8 1.0 20 0.01
KL36-05 68.5 71.5 0.0033 33 0.01 0.1 86 96 11 1 0.01 1 0.7 0.5 18 0.01
KL36-05 71.5 74.3 0.0028 28 0.15 0.1 175 138 20 1 0.01 1 0.9 2.2 17 0.01
KL36-05 74.3 77 0.0029 29 0.14 0.1 650 229 19 3 0.01 1 2 3.0 16 0.01
KL36-05 77 79.2 0.005 50 0.05 1.1 730 348 28 3 2 1 1.9 4.1 29 0.01
KL36-05 79.2 80.5 0.0042 42 0.07 1.3 850 460 26 1 2 1 1.9 3.8 26 0.1
KL36-05 80.5 83 0.0067 67 0.08 3.3 590 740 67 5 6 1 3.4 5.7 28 0.01
KL36-05 83 85.3 0.0146 146 0.71 7.2 2190 980 19 22 25 1 4.1 5.0 22 0.24
KL36-05 85.3 86.5 0.0078 78 0.08 1.7 1180 950 49 4 5 1 5.7 4.7 26 0.01
KL36-05 86.5 89.5 0.0054 54 0.02 0.7 184 132 38 3 2 1 1.8 2.6 29 0.01
KL36-05 89.5 92.5 0.0104 104 0.02 1.5 330 221 52 9 5 1 1.5 5.1 25 0.01
KL36-05 92.5 95.5 0.0156 156 0.08 0.6 206 95 40 38 9 1 3.2 2.9 57 0.01
KL36-05 95.5 98.5 0.118 1180 0.1 0.8 153 60 55 45 1 8 3.8 1.6 97 0.01
KL36-05 98.5 101.5 0.053 530 0.02 0.1 450 121 60 10 1 3 4.2 1.2 76 0.01
KL36-05 101.5 102.6 0.0162 162 0.1 1.2 1510 1310 48 14 2 1 4.8 3.6 84 0.1
KL36-05 102.6 104.5 0.667 6670 0.59 36.4 21900 43700 1380 72 17 10 140 20.9 78 0.71
KL36-05 104.5 107.5 1.09 10900 1.32 43.6 26200 22700 2075 138 75 12 260 17.3 80 1.64
KL36-05 107.5 110.5 0.0197 197 0.4 9.3 4510 3890 110 102 17 14 19.1 14.7 118 0.26
KL36-05 110.5 113.5 0.044 440 0.12 1.2 2310 1020 52 43 1 1 5.4 2.5 136 0.11
KL36-05 113.5 118.2 0.0081 81 0.09 1.1 2400 820 32 29 1 1 2.3 1.7 133 0.11



Appendix V - 283 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-05 118.2 120.7 0.0299 299 0.05 0.1 500 135 49 113 0.01 1 2.3 1.4 50 0.01
KL36-05 120.7 122.5 0.0118 118 0.05 0.1 580 162 32 71 0.01 1 1.7 1.2 91 0.01
KL36-05 122.5 125.5 0.046 460 0.09 0.1 1190 470 32 170 1 1 2.3 2.0 57 0.01
KL36-05 125.5 128.5 0.0137 137 0.04 0.1 319 170 34 480 0.01 1 2.1 2.2 33 0.01
KL36-05 128.5 131.5 0.056 560 0.12 14.3 8500 1330 73 55 66 6 30 24.0 25 0.12
KL36-05 131.5 134.5 0.141 1410 0.13 1.9 1470 450 250 1190 7 5 5 5.0 27 0.01
KL36-05 134.5 137.5 0.0068 68 0.06 0.1 347 126 24 385 0.01 1 2 1.8 34 0.01
KL36-05 137.5 140.5 0.442 4420 0.53 10.7 6300 980 140 392 36 24 7.1 7.6 87 0.01
KL36-05 140.5 143.5 0.253 2530 0.36 19 44000 2800 150 80 82 98 22 30.8 22 0.27
KL36-05 143.5 146.5 0.0281 281 0.61 6.1 1260 580 98 1430 12 3 6.3 7.4 13 0.11
KL36-05 146.5 149.5 0.0143 143 0.23 5.2 1820 1820 18 77 10 1 2.8 5.3 21 0.14
KL36-05 149.5 152.5 0.043 430 0.16 7.4 11800 2900 140 16 14 1 14.3 4.1 24 0.38
KL36-05 152.5 154.5 0.0159 159 3.93 14.6 26400 5300 100 31 8 1 17.5 7.5 26 0.78
KL36-05 154.5 157.5 0.044 440 0.43 17.6 11700 3600 130 36 12 1 28 29.6 24 0.2
KL36-05 157.5 158.9 0.014 140 0.16 3.7 2640 1030 150 32 14 1 1.9 11.6 23 0.01
KL36-05 158.9 161.5 0.0296 296 0.3 13.6 10700 25400 170 27 38 12 7.6 44.0 24 0.01
KL36-05 161.5 164.5 0.0108 108 0.04 1.3 890 430 9 39 6 1 1.6 1.6 21 0.01
KL36-05 164.5 167 0.0055 55 0.04 1.7 470 600 5 42 16 1 0.7 2.1 23 0.01
KL36-05 167 170.5 0.0227 227 0.1 9.7 31800 16000 110 92 42 1 11 8.9 22 0.1
KL36-05 170.5 173 0.0112 112 0.07 3.9 2010 1200 19 95 14 1 2.9 4.6 22 0.01
KL36-05 173 175.8 0.0089 89 0.06 3.7 2100 2610 14 44 9 1 7.5 4.2 21 0.01
KL36-05 175.8 178.3 0.0081 81 0.05 2.8 1240 1940 12 55 8 1 1.7 6.0 22 0.01
KL36-05 178.3 181.6 0.0126 126 0.03 1.4 1440 254 14 20 6 1 0.9 3.9 15 0.01
KL36-05 181.6 185.1 0.0054 54 0.02 1.2 560 540 7 9 3 1 0.8 2.0 8 0.01
KL36-05 185.1 187 0.008 80 0.03 2.3 1200 1170 9 7 3 1 1.5 2.6 11 0.01
KL36-05 187 188.5 0.0204 204 0.08 11.1 4600 1540 26 17 30 1 3.5 6.6 9 0.01
KL36-05 188.5 191.2 0.045 450 0.09 21.4 13300 11000 64 35 6 2 22 4.6 11 0.01
KL36-05 191.2 194.3 0.0078 78 0.02 3.6 490 1520 11 23 4 1 6.8 1.8 8 0.01
KL36-05 194.3 197.5 0.0088 88 0.06 1.7 420 278 18 35 4 1 3.4 2.5 12 0.01
KL36-05 197.5 200.5 0.0133 133 0.14 3 650 820 47 32 6 1 4.7 3.8 12 0.01
KL36-05 200.5 202.7 0.0112 112 0.14 1.7 480 228 40 18 6 1 3.3 2.6 9 0.01
KL36-05 202.7 205.1 0.008 80 0.05 2.2 212 146 14 23 2 1 1.9 1.3 8 0.01
KL36-05 205.1 208.5 0.075 750 0.1 1.7 480 242 110 22 2 6 5.3 2.1 15 0.01
KL36-05 208.5 209.5 0.0226 226 0.15 1.1 402 180 58 15 2 3 4.5 3.1 12 0.01
KL36-05 209.5 212.5 0.0182 182 0.04 2.4 680 570 18 20 4 1 3 1.7 9 0.01
KL36-05 212.5 215.6 0.0146 146 0.05 8.7 2220 3260 11 8 16 1 4.1 4.7 13 0.01
KL36-05 215.6 218.8 0.0119 119 0.03 5.7 3610 1170 12 7 12 1 1.5 4.7 12 0.01
KL36-05 218.8 221.6 0.0075 75 0.06 2.4 1010 500 27 15 4 1 1.6 2.7 13 0.01
KL36-05 221.6 224.5 0.0059 59 0.02 1.3 382 186 9 4 2 1 0.7 1.4 11 0.01
KL36-05 224.5 227.5 0.0085 85 0.04 2.8 840 580 21 6 6 1 1.4 3.4 12 0.01
KL36-05 227.5 230.5 0.056 560 0.08 23.2 6400 3700 110 37 39 5 14.2 8.3 21 0.01
KL36-05 230.5 233.5 0.057 570 0.09 28.9 5100 6200 84 98 64 4 12 8.6 20 0.01
KL36-05 233.5 236.5 0.051 510 0.1 24.1 4300 5700 120 48 53 7 15.6 6.3 33 0.01
KL36-05 236.5 239.5 0.0237 237 0.05 5.3 3740 2900 35 51 14 2 7.1 3.8 25 0.01
KL36-05 239.5 242.5 0.0244 244 0.16 3.2 2340 1060 170 88 11 2 9.5 6.6 54 0.01
KL36-05 242.5 245.5 0.0232 232 0.07 2.5 1440 700 28 45 6 1 3.6 7.2 31 0.01
KL36-05 245.5 248.5 0.0093 93 0.05 3 1340 1330 19 33 6 1 4.3 7.6 21 0.01
KL36-05 248.5 251.5 0.0112 112 0.03 4.1 1260 1220 18 21 9 1 4 3.7 17 0.01
KL36-05 251.5 254 0.0087 87 0.03 2.2 1220 490 11 17 12 1 1.5 3.0 12 0.01
KL36-05 254 257 0.0126 126 0.03 1.8 630 399 9 28 6 1 1.4 2.4 14 0.01
KL36-05 257 260.2 0.0211 211 0.08 3 1340 660 41 217 17 1 3.8 4.7 12 0.01
KL36-05 260.2 263.3 0.0106 106 0.05 0.6 1320 460 40 26 2 1 3.1 3.0 12 0.01
KL36-05 263.3 266.5 0.054 540 0.12 0.6 580 183 150 28 7 1 1.9 2.5 19 0.01
KL36-05 266.5 269.5 0.63 6300 0.54 6.2 890 210 140 110 15 22 5.5 9.5 30 0.01
KL36-05 269.5 272.5 0.491 4910 0.64 7.6 385 460 55 60 15 45 3.7 15.4 36 0.01
KL36-05 272.5 275.5 0.141 1410 0.59 5.5 930 1320 90 690 20 14 3.2 7.0 87 0.01
KL36-05 275.5 277.5 0.125 1250 0.26 2.4 387 180 120 890 4 13 3.8 6.0 151 0.01
KL36-05 277.5 280.3 0.141 1410 0.36 4 1750 332 210 760 5 4 10.1 7.0 70 0.01
KL36-05 280.3 282.3 0.408 4080 0.1 2.6 192 137 31 146 4 11 1.4 5.8 32 0.01
KL36-05 282.3 284.5 1.15 11500 0.52 9.1 620 140 73 91 34 30 4.4 7.0 37 0.01
KL36-05 284.5 287.5 1.16 11600 0.45 8.2 530 114 71 85 28 31 2.8 5.8 35 0.01
KL36-05 287.5 289.5 0.68 6800 0.53 9.5 620 100 60 18 7 30 1.2 10.3 30 0.01
KL36-05 289.5 293.5 0.44 4400 0.36 5.5 430 70 100 37 5 18 3.2 6.1 25 0.01



Appendix V - 284 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-05 293.5 296.5 0.311 3110 0.33 6.3 480 163 39 15 2 9 2.1 4.5 25 0.01
KL36-05 296.5 298.5 0.42 4200 0.31 8.8 730 289 58 36 14 17 1.2 5.8 34 0.01
KL36-05 298.5 300.5 0.495 4950 0.53 8.5 640 210 61 15 5 15 2 6.5 35 0.01
KL36-05 300.5 302.2 0.73 7300 0.21 13.6 750 520 62 170 44 48 2.1 9.3 35 0.01
KL36-05 302.2 305.4 0.122 1220 0.2 2 1250 70 74 16 2 9 4.9 3.8 28 0.01
KL36-05 305.4 307.5 0.053 530 0.15 1 267 323 61 27 1 2 2.9 1.8 19 0.01
KL36-05 307.5 310.7 0.75 7500 1.12 6.9 880 376 420 9 2 49 14 8.3 27 0.01
KL36-05 310.7 313.8 0.38 3800 0.94 3.9 18600 81 440 9 1 50 11.1 12.0 21 0.01
KL36-05 313.8 317 0.645 6450 0.64 5.9 8540 362 210 69 4 53 4.2 8.8 31 0.01
KL36-05 317 320.1 1 10000 0.16 8.9 1430 630 57 80 6 42 1.4 6.5 48 0.01
KL36-05 320.1 323 1.57 15700 0.12 9.1 2000 510 95 92 7 3 2 2.0 32 0.01
KL36-05 323 326 0.056 560 0.07 2.9 780 200 62 45 8 7 0.8 3.0 40 0.01
KL36-05 326 328 0.78 7800 1.28 16.6 17700 1450 91 185 25 50 5 9.2 68 0.01
KL36-05 328 331.1 0.9 9000 1.26 17.1 14300 4800 400 55 16 80 14.9 12.3 70 0.01
KL36-05 331.1 334.2 0.23 2300 0.35 2.9 1450 700 130 19 3 10 4.5 3.0 24 0.01
KL36-05 334.2 337.3 0.126 1260 0.16 1.3 1470 900 110 7 0.01 2 2.2 3.0 15 0.01
KL36-05 337.3 338.5 1.14 11400 1.07 12.3 15700 9200 260 10 20 37 28 12.5 84 0.01
KL36-05 338.5 341.5 2.06 20600 1.78 9.9 2800 2300 160 11 4 37 28.5 15.3 46 0.01
KL36-05 341.5 344.5 2.87 28700 3 6.5 850 720 48 2 4 40 21 13.0 32 0.01
KL36-05 344.5 346.7 2.01 20100 1.7 7.4 3800 2700 380 3 5 78 30 12.5 72 0.22
KL36-05 346.7 349.7 2.33 23300 2.38 9.5 5900 4300 800 5 5 85 32 14.0 51 0.58
KL36-05 349.7 352.8 4.16 41600 2.4 21.4 14100 8500 680 13 4 77 24 16.0 90 0.76
KL36-05 352.8 353.9 2.58 25800 1.06 15.5 2720 1570 54 6 2 35 8.8 16.0 73 0.01
KL36-05 353.9 355.7 2.37 23700 0.46 16.9 10500 4400 54 227 2 35 3.7 30.0 88 0.4
KL36-05 355.7 357.5 1.73 17300 0.43 10.7 1550 140 15 57 2 16 0.5 22.3 80 0.01
KL36-05 357.5 359.5 1 10000 0.24 7.6 365 186 200 20 4 12 57 12.5 108 1.06
KL36-05 359.5 362.2 0.86 8600 0.19 4.9 256 107 120 58 4 9 11 17.3 60 0.44
KL36-05 362.2 365.3 0.74 7400 0.22 3.8 630 173 25 120 5 9 1.8 14.0 61 0.01
KL36-05 365.3 368.4 0.9 9000 0.16 2 540 129 7 26 2 10 0.9 17.0 73 0.01
KL36-05 368.4 371.5 1.11 11100 0.34 3.5 322 130 13 15 3 10 0.8 14.5 70 0.01
KL36-05 371.5 373.8 0.93 9300 0.51 77 2900 18600 170 11 5 12 319 16.8 84 0.29
KL36-05 373.8 376.1 0.21 2100 0.21 1.9 170 97 5 6 2 10 1.8 6.8 62 0.01
KL36-05 376.1 378 0.512 5120 0.26 2.3 190 67 4 12 1 6 0.6 3.5 79 0.01
KL36-05 378 381 0.503 5030 0.45 2.2 130 33 1 8 3 7 0.5 5.3 77 0.01
KL36-05 381 383.5 0.29 2900 0.15 1.9 48 34 9 6 5 6 0.6 5.5 68 0.01
KL36-05 383.5 386.5 0.26 2600 0.26 3.5 117 123 8 6 4 6 2.1 3.3 75 0.01
KL36-05 386.5 389.5 0.458 4580 0.2 2.5 80 55 41 12 3 12 4 12.0 58 0.01
KL36-05 389.5 392.5 0.378 3780 0.13 4.8 142 214 10 12 5 9 2.7 5.3 71 0.01
KL36-05 392.5 395.5 0.28 2800 0.11 2 271 36 2 8 1 5 0.3 4.3 64 0.01
KL36-05 395.5 398.2 0.21 2100 0.11 2.6 530 138 31 10 16 9 12.8 8.5 97 0.01
KL36-05 398.2 400.5 0.51 5100 0.14 3.9 400 45 10 100 4 11 0.8 11.0 73 0.01
KL36-05 400.5 402 0.376 3760 0.09 3 450 25 6 60 2 8 0.3 5.8 84 0.01
KL36-05 402 404.3 0.95 9500 0.14 5.5 189 88 16 28 8 15 0.8 29.1 75 0.01
KL36-05 404.3 407.5 0.28 2800 0.16 1.6 370 104 9 37 2 9 0.3 6.0 75 0.01
KL36-05 407.5 410.5 0.16 1600 0.13 1.7 171 85 6 15 2 5 1 3.3 79 0.01
KL36-05 410.5 412 0.382 3820 0.36 1.8 300 68 6 10 1 8 1.6 4.8 83 0.01
KL36-05 412 415 0.92 9200 3.76 15.3 36600 7500 470 12 12 14 195 31.6 71 3.4
KL36-05 415 416.9 0.86 8600 0.42 1.6 251 68 5 8 0.01 13 1 7.0 68 0.14
KL36-05 416.9 418.3 0.22 2200 0.17 1.7 213 47 5 9 1 5 0.3 3.3 91 0.01
KL36-05 418.3 420.9 0.411 4110 0.04 1.2 390 67 16 20 1 3 0.6 5.5 90 0.01
KL36-05 420.9 424 0.26 2600 0.05 1 148 90 20 24 1 3 0.4 4.5 98 0.01
KL36-05 424 425.5 0.2 2000 0.05 0.9 141 82 34 35 0.01 2 0.3 3.0 176 0.01
KL36-05 425.5 427.5 0.495 4950 0.06 1.2 106 48 6 145 0.01 3 0.4 3.9 195 0.01
KL36-05 427.5 430.5 0.25 2500 0.05 1.4 92 112 500 55 0.01 3 2.9 4.5 126 0.01
KL36-05 430.5 432 0.9 9000 0.32 2.5 1740 86 790 58 1 12 1.4 6.0 126 0.14
KL36-05 432 434.5 0.58 5800 0.13 1.7 130 26 130 61 1 8 0.3 5.8 171 0.01
KL36-05 434.5 437.5 0.34 3400 0.06 1.3 73 32 8 27 1 5 0.2 2.5 140 0.01
KL36-05 437.5 440.5 0.59 5900 0.19 4.6 90 87 95 201 0.01 4 7.7 5.3 127 0.01
KL36-05 440.5 442 0.28 2800 0.05 1.2 66 167 6 27 1 3 0.3 4.0 167 0.01
KL36-05 442 444.5 0.388 3880 0.1 1.7 167 87 54 62 0.01 2 4.8 3.5 227 0.01
KL36-05 444.5 446.5 0.488 4880 0.27 2 301 168 5 24 1 1 0.3 4.1 107 0.01
KL36-05 446.5 449.5 0.24 2400 0.05 1.1 35 26 2 25 0.01 2 0.3 2.5 127 0.01
KL36-05 449.5 452.5 0.23 2300 0.07 0.8 81 34 3 46 1 4 0.2 3.0 161 0.01



Appendix V - 285 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-05 452.5 455.5 0.57 5700 0.05 1.4 50 12 90 38 1 2 2.9 6.0 179 0.01
KL36-05 455.5 458.5 0.86 8600 0.11 8.9 330 409 740 223 2 3 32 7.0 150 0.21
KL36-05 458.5 461.5 0.83 8300 0.06 2.8 167 60 130 85 1 9 2.9 5.5 110 0.01
KL36-05 461.5 464.5 0.66 6600 0.11 2 114 103 51 75 1 3 2.4 5.5 195 0.01
KL36-05 464.5 467.5 0.32 3200 0.06 1.2 100 110 420 95 1 1 1 3.8 125 0.01
KL36-05 467.5 470.5 0.29 2900 0.05 0.9 77 47 610 50 0.01 2 2.7 4.0 147 0.01
KL36-05 470.5 473.5 0.68 6800 0.29 2.6 70 102 1720 262 2 1 14.6 5.5 224 0.32
KL36-05 473.5 476.5 0.436 4360 0.37 2.7 56 115 1350 75 1 1 8.5 4.3 160 0.2
KL36-05 476.5 478 0.422 4220 0.19 1.1 27 78 1420 90 0.01 4 4.9 4.4 180 0.01
KL36-05 478 480.5 0.35 3500 0.07 0.1 35 61 970 40 0.01 1 2.5 3.3 137 0.01
KL36-05 480.5 482.4 0.78 7800 0.15 1.1 40 60 2120 39 0.01 4 5.7 6.4 192 0.1
KL36-05 482.4 485.5 1.14 11400 0.17 1.9 50 24 1080 221 0.01 3 2.7 5.2 168 0.01
KL36-05 485.5 488.5 0.66 6600 0.12 1.3 40 20 420 67 0.01 2 0.5 5.0 245 0.01
KL36-05 488.5 491.4 0.497 4970 0.1 0.8 26 15 52 52 0.01 2 0.3 4.3 212 0.01
KL36-05 491.4 494.5 0.68 6800 0.15 4.2 241 173 65 71 1 7 40 5.5 250 0.18
KL36-05 494.5 497.5 0.74 7400 0.24 1 30 16 2 70 0.01 5 0.4 5.8 220 0.01
KL36-05 497.5 500.5 0.61 6100 0.2 1.1 35 20 6 55 0.01 3 0.3 4.1 280 0.01
KL36-05 500.5 503.5 0.65 6500 0.24 1.7 31 39 32 51 0.01 8 0.3 5.0 221 0.01
KL36-05 503.5 506.5 0.79 7900 0.16 2 34 26 320 61 0.01 4 0.3 3.3 230 0.01
KL36-05 506.5 509.5 0.424 4240 0.12 0.9 17 10 12 68 0.01 10 0.4 2.8 250 0.01
KL36-05 509.5 512.5 0.476 4760 0.19 1.2 29 8 110 245 0.01 4 0.6 4.3 227 0.01
KL36-05 512.5 515.5 0.431 4310 0.15 1 21 15 17 59 0.01 4 0.01 3.9 187 0.01
KL36-05 515.5 518.5 0.358 3580 0.04 1 12 14 58 64 0.01 4 0.5 3.5 155 0.01
KL36-05 518.5 521.5 0.457 4570 0.04 0.8 16 13 59 76 0.01 4 0.4 4.3 247 0.01
KL36-05 521.5 524.5 0.401 4010 0.03 1.2 62 42 180 35 0.01 3 8.6 4.1 132 0.01
KL36-05 524.5 527.5 0.462 4620 0.04 0.9 17 15 400 118 0.01 2 3.2 3.5 200 0.01
KL36-05 527.5 530.5 0.64 6400 0.25 1.6 70 51 10 126 0.01 4 0.4 3.8 220 0.01
KL36-05 530.5 533.5 0.82 8200 0.1 1.7 30 17 12 28 0.01 5 0.3 6.5 210 0.01
KL36-05 533.5 536.5 0.81 8100 0.19 1.4 35 18 15 31 0.01 6 0.9 6.5 67 0.01
KL36-05 536.5 539.5 0.66 6600 0.18 1.1 30 22 2 52 0.01 9 0.01 4.8 132 0.01
KL36-05 539.5 542.5 0.61 6100 0.07 1 25 18 42 43 0.01 5 0.01 3.8 187 0.1
KL36-05 542.5 545.5 0.58 5800 0.07 2.2 37 1470 1070 104 1 6 5.3 5.0 110 0.1
KL36-05 545.5 548.5 0.67 6700 0.12 3.2 1150 1610 560 90 3 5 3.8 4.8 105 0.28
KL36-05 548.5 551.5 0.332 3320 0.14 4.5 151 200 240 106 16 6 55 11.8 36 0.37
KL36-05 551.5 554.5 0.515 5150 0.15 0.7 30 16 14 78 0.01 4 0.5 4.3 74 0.01
KL36-05 554.5 557.5 0.418 4180 0.04 0.7 25 13 49 57 0.01 3 1.7 4.0 191 0.01
KL36-05 557.5 560.5 0.64 6400 0.15 1 60 31 1 45 0.01 6 0.2 3.8 175 0.01
KL36-05 560.5 563.6 0.49 4900 0.07 0.8 48 28 12 71 0.01 5 0.2 4.0 155 0.01
KL36-05 563.6 566.5 0.503 5030 0.16 1 24 22 4 103 0.01 6 0.01 5.0 112 0.01
KL36-05 566.5 569.5 0.389 3890 0.1 1 35 19 2 62 0.01 5 0.01 3.7 133 0.01
KL36-05 569.5 572.5 0.57 5700 0.21 1.4 28 28 2 44 0.01 6 0.01 3.3 130 0.01
KL36-05 572.5 574.1 0.355 3550 0.1 0.1 68 264 170 37 0.01 5 3.3 3.0 212 0.01
KL36-05 574.1 576 0.395 3950 0.09 0.9 32 37 120 60 0.01 3 1 3.5 147 0.01
KL36-05 576 576.8 0.377 3770 0.11 1.2 41 29 5 46 1 7 0.01 3.3 55 0.01
KL36-05 576.8 578.5 0.338 3380 0.11 1 21 16 2 54 1 6 0.01 4.0 147 0.01
KL36-05 578.5 581.5 0.32 3200 0.11 0.6 38 21 3 48 1 5 0.5 3.5 178 0.01
KL36-05 581.5 584.5 0.25 2500 0.04 0.9 22 12 14 24 1 5 0.6 3.7 143 0.01
KL36-05 584.5 587.5 0.368 3680 0.06 0.9 80 32 130 56 1 7 2.9 5.0 171 0.01
KL36-05 587.5 589.5 0.274 2740 0.04 0.1 17 7 6 73 0.01 6 0.01 5.0 187 0.01
KL36-05 589.5 592.6 0.24 2400 0.04 0.1 16 14 90 94 0.01 4 1.2 3.5 220 0.01
KL36-05 592.6 595.2 0.26 2600 0.04 0.1 21 27 240 40 0.01 3 1.2 3.5 201 0.01
KL36-05 595.2 596.5 0.22 2200 0.02 0.1 17 12 24 35 0.01 2 0.5 3.1 252 0.01
KL36-05 596.5 599.5 0.23 2300 0.05 0.7 22 21 150 36 0.01 3 0.8 4.3 157 0.01
KL36-05 599.5 601.5 0.21 2100 0.03 0.1 110 42 560 23 0.01 2 2.5 7.3 122 0.01
KL36-05 601.5 602.7 0.21 2100 0.03 1 118 45 750 41 1 3 3.5 3.3 125 0.01
KL36-05 602.7 604.5 0.2 2000 0.04 1 72 61 580 153 2 2 4.3 4.8 94 0.01
KL36-05 604.5 607.5 0.2 2000 0.04 0.8 56 58 620 69 3 4 2.9 5.8 119 0.01
KL36-05 607.5 609.8 0.33 3300 0.04 1.2 147 113 140 23 2 7 0.6 5.3 105 0.1
KL36-05 609.8 611.5 0.183 1830 0.03 0.1 56 36 16 69 1 5 0.2 3.8 145 0.01
KL36-05 611.5 614.5 0.21 2100 0.03 0.9 58 68 17 48 2 4 1.6 4.1 117 0.01
KL36-05 614.5 617.5 0.2 2000 0.01 0.1 15 14 4 36 1 4 0.01 3.8 150 0.01
KL36-05 617.5 620.5 0.25 2500 0.01 0.1 26 14 1 41 1 4 0.01 5.8 156 0.01
KL36-05 620.5 623.5 0.242 2420 0.01 0.1 218 126 3 57 0.01 3 0.01 3.0 57 0.01



Appendix V - 286 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-05 623.5 626.5 0.23 2300 0.02 0.1 14 9 7 84 1 5 0.01 4.5 130 0.01
KL36-05 626.5 629.5 0.517 5170 0.05 0.9 31 20 8 40 0.01 10 0.4 5.8 164 0.1
KL36-05 629.5 632.5 0.3 3000 0.04 1.2 201 94 220 40 1 7 2.2 4.5 188 0.12
KL36-05 632.5 635.5 0.25 2500 0.04 0.7 25 15 160 47 0.01 6 0.4 4.0 170 0.01
KL36-05 635.5 638.5 0.291 2910 0.02 0.1 25 20 2 87 0.01 3 0.01 3.5 201 0.01
KL36-05 638.5 641.5 0.159 1590 0.03 0.1 49 21 11 55 0.01 5 0.01 3.8 230 0.01
KL36-05 641.5 644.5 0.132 1320 0.03 0.9 303 193 15 56 1 7 0.6 4.8 124 0.01
KL36-05 644.5 647.5 0.127 1270 0.02 0.1 138 97 14 78 0.01 7 0.3 4.5 175 0.01
KL36-05 647.5 650.5 0.111 1110 0.02 0.1 128 132 150 51 1 4 2.4 4.0 165 0.01
KL36-05 650.5 653.5 0.171 1710 0.03 0.1 73 61 120 43 1 9 2.5 7.8 29 0.01
KL36-05 653.5 656.5 0.099 990 0.03 0.1 13 12 9 32 0.01 6 0.3 5.3 140 0.01
KL36-05 656.5 659.5 0.131 1310 0.02 0.1 17 10 7 57 0.01 5 0.01 3.8 272 0.01
KL36-05 659.5 662.5 0.102 1020 0.02 0.1 52 34 8 43 0.01 5 1 3.3 235 0.01
KL36-05 662.5 665.5 0.12 1200 0.04 0.8 94 66 14 37 1 23 0.9 11.8 135 0.01
KL36-05 665.5 668.5 0.096 960 0.04 0.1 157 93 12 28 1 9 1.3 7.3 190 0.01
KL36-05 668.5 671.5 0.102 1020 0.03 0.1 111 47 10 30 1 8 0.9 4.9 137 0.1
KL36-05 671.5 674.5 0.121 1210 0.01 0.1 131 61 10 36 0.01 12 0.6 4.8 256 0.01
KL36-05 674.5 677.5 0.168 1680 0.03 0.6 192 64 19 135 1 13 3.2 6.3 149 0.01
KL36-05 677.5 680.5 0.192 1920 0.02 0.1 73 53 9 57 1 6 0.6 5.3 191 0.01
KL36-05 680.5 683.5 0.281 2810 0.07 1 136 109 110 53 1 7 36 5.0 109 0.01
KL36-05 683.5 686.5 0.172 1720 0.05 0.1 69 32 9 66 0.01 4 0.6 2.5 231 0.01
KL36-05 686.5 689.5 0.069 690 0.04 0.1 70 22 12 72 1 3 1.6 3.5 261 0.01
KL36-05 689.5 692.5 0.108 1080 0.03 0.1 41 32 28 98 0.01 1 1.7 2.3 205 0.01
KL36-05 692.5 695.5 0.053 530 0.02 0.1 19 21 8 50 0.01 6 1.2 3.5 183 0.01
KL36-05 695.5 698.5 0.0291 291 0.08 0.1 27 24 28 96 0.01 16 1.5 3.5 340 0.01
KL36-05 698.5 701.2 0.0369 369 0.03 0.1 17 27 33 46 0.01 6 1 2.5 163 0.01
KL36-05 701.2 704.2 0.115 1150 0.05 0.1 28 21 160 50 1 3 34 3.3 248 0.01
KL36-05 704.2 707.5 0.08 800 0.17 0.7 33 40 55 84 1 7 12.9 7.3 231 0.01
KL36-05 707.5 710.5 0.171 1710 0.03 0.1 17 53 12 50 0.01 6 1.7 3.3 225 0.01
KL36-05 710.5 713.3 0.112 1120 0.03 0.1 20 34 16 88 1 7 2.2 4.0 317 0.01
KL36-05 713.3 716.5 0.043 430 0.02 0.1 77 31 52 45 1 6 1.1 3.0 260 0.01
KL36-05 716.5 719.5 0.094 940 0.04 0.1 41 50 9 84 1 6 1.2 3.0 167 0.01
KL36-05 719.5 722.5 0.12 1200 0.02 0.1 14 21 5 60 0.01 4 0.3 3.5 160 0.01
KL36-05 722.5 725.5 0.199 1990 0.02 0.1 23 29 3 56 0.01 7 0.4 4.5 164 0.01
KL36-05 725.5 728.5 0.146 1460 0.03 0.1 91 54 120 478 1 7 1.5 4.8 260 0.01
KL36-05 728.5 731.5 0.088 880 0.01 0.1 117 17 4 150 0.01 5 0.3 3.0 190 0.01
KL36-05 731.5 734.5 0.193 1930 0.02 0.7 16 12 3 31 0.01 4 0.6 3.3 143 0.01
KL36-05 734.5 737 0.22 2200 0.06 0.1 27 18 8 65 1 6 0.6 5.0 187 0.01
KL36-05 737 740 0.117 1170 0.04 0.1 14 14 19 30 1 5 0.4 3.3 191 0.01
KL36-05 740 742.7 0.168 1680 0.03 1 33 25 5 44 1 6 1.2 5.0 242 0.01
KL36-05 742.7 745.7 0.081 810 0.01 0.1 25 13 3 45 0.01 9 0.2 3.0 213 0.01
KL36-05 745.7 748.7 0.313 3130 0.06 1.6 22 42 65 70 9 10 1.8 5.5 137 0.01
KL36-05 748.7 751.8 0.23 2300 0.05 1 52 55 66 101 3 3 1.1 4.5 219 0.01
KL36-05 751.8 754.8 0.24 2400 0.06 1.1 32 49 19 116 0.01 11 1.2 9.6 170 0.01
KL36-05 754.8 757.5 0.22 2200 0.08 1.3 22 30 100 82 4 6 6.1 5.5 124 0.01
KL36-05 757.5 760.3 0.202 2020 0.08 0.6 46 51 200 51 1 5 2.6 4.9 105 0.01
KL36-05 760.3 763.4 0.107 1070 0.08 0.7 28 36 15 52 2 5 3.7 4.3 115 0.01
KL36-05 763.4 766.5 0.084 840 0.07 0.1 33 38 67 192 1 7 1.6 3.8 232 0.01
KL36-05 766.5 769.5 0.0315 315 0.03 0.1 23 31 7 65 0.01 4 1.3 2.0 223 0.01
KL36-05 769.5 772.3 0.0191 191 0.03 0.1 28 23 14 64 0.01 4 1.4 1.4 141 0.01
KL36-05 772.3 774.4 0.023 230 0.07 0.1 23 25 16 57 0.01 5 1.4 1.8 222 0.01
KL36-05 774.4 776.5 0.0197 197 0.02 0.1 34 58 13 55 0.01 7 2 3.3 136 0.01
KL36-05 776.5 779.5 0.065 650 0.09 0.1 62 37 15 127 1 8 3.1 4.4 262 0.01
KL36-05 779.5 781.5 0.0149 149 0.22 0.1 70 85 17 46 2 21 3.6 4.9 205 0.01
KL36-06 0 2.5 0.0125 125 0.04 0.1 169 76 11 3 0.01 1 0.5 1.2 15 0.01
KL36-06 2.5 5.5 0.0205 205 0.07 0.1 309 146 7 2 0.01 1 0.5 2.2 16 0.01
KL36-06 5.5 8.5 0.0114 114 0.06 0.1 226 97 7 5 0.01 1 0.4 1.7 15 0.01
KL36-06 8.5 11.5 0.094 940 0.05 0.7 219 101 10 4 2 1 0.9 1.9 14 0.01
KL36-06 11.5 14.5 0.0062 62 0.03 0.1 520 208 9 3 0.01 1 0.6 2.2 15 0.01
KL36-06 14.5 17.5 0.0041 41 0.03 0.1 430 195 6 2 0.01 1 0.3 1.7 16 0.01
KL36-06 17.5 20.5 0.0162 162 0.04 3.1 2210 2000 18 4 0.01 1 24 4.2 16 0.1
KL36-06 20.5 23.5 0.0024 24 0.02 1 397 269 8 3 0.01 1 1 1.5 13 0.01
KL36-06 23.5 26.5 0.006 60 0.04 1 790 380 10 4 0.01 1 1.9 2.4 14 0.01



Appendix V - 287 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-06 26.5 29.5 0.0078 78 0.02 0.1 398 340 9 3 0.01 1 1.4 1.2 12 0.01
KL36-06 29.5 32.5 0.0036 36 0.04 0.7 500 172 15 1 0.01 1 1.2 2.4 15 0.01
KL36-06 32.5 35.5 0.0035 35 0.01 0.1 229 106 8 4 0.01 1 0.6 1.5 13 0.01
KL36-06 35.5 38.5 0.0115 115 0.01 0.1 134 68 11 3 0.01 1 0.7 1.3 15 0.01
KL36-06 38.5 41.5 0.0088 88 0.01 0.1 130 54 8 3 0.01 1 0.8 2.1 16 0.01
KL36-06 41.5 44.5 0.0119 119 0.01 0.1 71 33 8 4 0.01 1 0.3 1.3 22 0.01
KL36-06 44.5 47.5 0.0083 83 0.01 0.1 50 25 6 2 0.01 1 0.2 0.5 25 0.01
KL36-06 47.5 50.5 0.0038 38 0.01 0.1 122 52 8 1 0.01 1 0.5 1.1 23 0.01
KL36-06 50.5 53.5 0.0032 32 0.01 0.1 164 88 6 1 0.01 1 0.4 0.7 16 0.01
KL36-06 53.5 56.5 0.003 30 0.01 0.1 377 87 9 2 0.01 1 0.8 1.3 14 0.01
KL36-06 56.5 59.5 0.0027 27 0.02 0.1 660 187 10 2 0.01 1 1.2 0.9 19 0.01
KL36-06 59.5 62.5 0.0029 29 0.01 0.1 189 78 9 1 0.01 1 0.6 0.7 15 0.01
KL36-06 62.5 65.5 0.0027 27 0.21 1.6 670 299 16 2 0.01 1 2.4 2.2 15 0.17
KL36-06 65.5 68.5 0.0017 17 0.02 0.1 315 141 11 2 0.01 1 0.5 1.5 17 0.01
KL36-06 68.5 71.5 0.0066 66 0.01 0.1 62 31 9 4 0.01 1 0.2 1.2 21 0.01
KL36-06 71.5 74.5 0.0021 21 0.01 0.1 150 84 10 3 0.01 1 0.01 1.3 16 0.01
KL36-06 74.5 77.5 0.0035 35 0.01 0.1 23 17 11 4 0.01 1 0.3 1.4 23 0.01
KL36-06 77.5 80.5 0.0029 29 0.01 0.1 26 17 14 2 0.01 1 0.2 1.2 19 0.01
KL36-06 80.5 83.5 0.0024 24 0.01 0.1 34 30 14 3 0.01 1 0.2 1.1 21 0.01
KL36-06 83.5 86.5 0.0065 65 0.06 35 3000 11800 62 2 0.01 1 30 1.9 33 0.01
KL36-06 86.5 89.5 0.0075 75 0.01 0.6 121 111 15 4 0.01 1 0.5 0.6 29 0.01
KL36-06 89.5 92.5 0.017 170 0.1 9.5 7970 5070 33 3 0.01 1 8 3.3 24 0.01
KL36-06 92.5 95.5 0.0072 72 0.27 1.5 3180 1700 330 4 0.01 1 78 4.3 32 0.89
KL36-06 95.5 98.5 0.0045 45 0.01 0.1 42 47 11 6 0.01 1 0.7 1.7 18 0.01
KL36-06 98.5 101.5 0.0052 52 0.01 0.1 51 47 20 5 0.01 1 0.6 1.4 30 0.01
KL36-06 101.5 104.5 0.005 50 0.03 1 560 257 14 5 0.01 1 1.2 2.1 33 0.01
KL36-06 104.5 107.5 0.0118 118 0.02 1.4 640 510 12 3 0.01 1 0.8 1.7 14 0.01
KL36-06 107.5 110.5 0.0052 52 0.02 0.1 126 122 6 2 0.01 1 0.3 0.7 13 0.01
KL36-06 110.5 113.5 0.0048 48 0.02 0.1 231 216 9 3 0.01 1 0.4 1.1 16 0.01
KL36-06 113.5 116.5 0.0038 38 0.01 0.9 460 590 17 1 0.01 1 1.4 2.1 30 0.01
KL36-06 116.5 119.5 0.046 460 0.02 0.7 334 430 22 5 0.01 2 0.7 2.7 32 0.01
KL36-06 119.5 122.5 0.0045 45 0.01 0.1 115 168 33 6 0.01 2 0.6 2.3 70 0.01
KL36-06 122.5 125.5 0.0234 234 0.17 40 7100 13400 34 19 78 2 4.6 33.7 32 0.1
KL36-06 125.5 128.5 0.0044 44 0.01 1 480 670 18 3 1 1 0.8 4.4 19 0.01
KL36-06 128.5 131.5 0.0359 359 0.01 0.9 560 610 22 6 1 1 0.8 6.9 30 0.01
KL36-06 131.5 134.5 0.004 40 0.01 0.8 140 470 29 5 1 3 0.4 1.5 28 0.01
KL36-06 134.5 137.5 0.0029 29 0.01 0.7 194 338 24 21 1 2 0.3 1.2 30 0.01
KL36-06 137.5 140.5 0.0052 52 0.01 1.8 67 264 23 7 4 2 0.01 2.0 28 0.01
KL36-06 140.5 143.5 0.0034 34 0.01 0.1 86 160 18 9 0.01 1 0.3 1.1 25 0.01
KL36-06 143.5 146.5 0.0037 37 0.01 0.1 132 185 20 8 0.01 1 0.4 1.8 24 0.01
KL36-06 146.5 149.5 0.005 50 0.01 0.1 281 640 28 20 0.01 1 0.7 3.1 21 0.01
KL36-06 149.5 152.5 0.0047 47 0.01 2.3 238 610 27 27 6 1 1.2 4.4 19 0.01
KL36-06 152.5 155.5 0.0115 115 0.02 2.6 5440 1060 25 20 6 2 1.5 12.2 21 0.01
KL36-06 155.5 158.5 0.0074 74 0.01 1.4 215 275 16 10 5 1 1.6 11.7 18 0.01
KL36-06 158.5 161.5 0.007 70 0.02 10.2 620 890 18 29 32 3 2.1 54.0 22 0.01
KL36-06 161.5 164.5 0.0061 61 0.02 4.5 740 1120 56 24 19 1 1.1 5.1 24 0.01
KL36-06 164.5 167.5 0.0082 82 0.03 0.8 970 285 54 56 19 1 5.2 4.0 26 0.01
KL36-06 167.5 170.5 0.0017 17 0.01 0.1 52 84 9 5 0.01 1 0.3 1.8 15 0.01
KL36-06 170.5 173.5 0.0056 56 0.04 0.1 194 198 23 6 1 1 0.6 1.4 15 0.01
KL36-06 173.5 176.5 0.005 50 0.07 0.9 249 180 47 10 4 1 1 2.3 18 0.01
KL36-06 176.5 179.5 0.0035 35 0.03 0.9 166 183 32 8 20 1 1.3 3.0 19 0.01
KL36-06 179.5 182.5 0.0037 37 0.01 1 153 149 26 6 16 1 1 2.6 20 0.01
KL36-06 182.5 185.5 0.076 760 0.02 2.8 1150 181 120 11 28 5 2.9 6.1 27 0.01
KL36-06 185.5 188 0.0045 45 0.02 0.7 106 88 27 9 8 1 1.8 2.0 21 0.01
KL36-06 188 191.1 0.0044 44 0.04 1 269 610 39 8 2 1 1.2 3.4 26 0.01
KL36-06 191.1 193.7 0.0033 33 0.01 0.7 338 730 28 2 4 1 0.6 1.4 19 0.01
KL36-06 193.7 196.7 0.0062 62 0.02 1.6 930 670 43 12 8 1 1 5.0 21 0.01
KL36-06 196.7 199.8 0.198 1980 0.03 2.2 1770 710 32 8 10 11 0.7 5.7 33 0.01
KL36-06 199.8 202.9 0.62 6200 0.21 5.2 790 383 51 10 3 18 1.6 4.4 44 0.01
KL36-06 202.9 206 0.112 1120 0.05 0.8 197 120 18 103 1 4 1 2.1 49 0.01
KL36-06 206 207.9 0.07 700 0.03 0.7 117 61 11 23 2 4 1 1.5 70 0.01
KL36-06 207.9 210 0.081 810 0.03 0.9 118 152 16 18 1 3 0.9 1.4 56 0.01
KL36-06 210 212.3 0.061 610 0.05 0.6 359 107 14 33 1 3 1.2 1.9 91 0.01



Appendix V - 288 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-06 212.3 215.4 0.0383 383 0.04 0.6 244 250 9 34 1 1 3.3 1.0 95 0.01
KL36-06 215.4 216.9 0.121 1210 0.04 1.1 146 147 7 110 0.01 4 0.4 3.2 32 0.01
KL36-06 216.9 218.5 2.2 22000 0.32 19.4 158 112 20 345 9 4 2.3 3.6 148 0.19
KL36-06 218.5 221.5 0.72 7200 0.23 15 200 245 100 63 6 8 13.6 9.6 81 0.1
KL36-06 221.5 223.9 0.96 9600 0.48 28.9 170 322 72 560 58 11 13.3 18.4 87 0.1
KL36-06 223.9 227 1.15 11500 0.33 21.9 810 970 83 245 16 8 10.8 6.0 73 0.16
KL36-06 227 229 0.141 1410 0.09 3.3 218 249 29 67 4 12 6.9 2.9 68 0.01
KL36-06 229 230.9 0.22 2200 0.11 3.2 119 272 18 44 5 8 3.1 4.6 43 0.01
KL36-06 230.9 234 0.07 700 0.07 2.4 226 385 13 19 3 7 2.3 5.3 32 0.01
KL36-06 234 236.5 0.0246 246 0.09 1.2 268 340 10 20 2 4 0.7 2.8 18 0.01
KL36-06 236.5 239.5 0.076 760 0.08 1.4 570 322 14 25 2 5 2.4 3.0 97 0.01
KL36-06 239.5 242.5 0.179 1790 0.08 3.1 98 110 16 112 2 11 2.3 4.5 37 0.01
KL36-06 242.5 245 0.205 2050 0.14 3.5 426 450 34 231 5 10 2.7 7.1 38 0.01
KL36-06 245 247.2 0.21 2100 0.16 3.4 990 520 30 219 2 7 7.3 6.0 39 0.01
KL36-06 247.2 250.2 0.185 1850 0.11 2.1 240 210 16 264 2 8 1.8 4.0 115 0.01
KL36-06 250.2 251.5 0.28 2800 0.12 2.9 207 221 19 63 3 9 2.7 4.1 33 0.01
KL36-06 251.5 254.5 0.335 3350 0.12 3.5 580 430 18 38 4 12 4.4 4.7 27 0.01
KL36-06 254.5 256.6 0.204 2040 0.12 2 109 141 18 124 1 5 1.4 2.6 33 0.01
KL36-06 256.6 258.2 0.2 2000 0.12 3.8 96 640 28 19 4 8 3.5 4.2 28 0.01
KL36-06 258.2 260 0.24 2400 0.08 3 127 550 34 65 4 10 1.4 7.1 23 0.01
KL36-06 260 263 0.341 3410 0.07 4.4 83 263 15 300 5 8 2.6 5.9 21 0.01
KL36-06 263 266.2 0.31 3100 0.05 3.3 110 145 10 189 2 9 1.8 6.3 20 0.01
KL36-06 266.2 269.2 0.29 2900 0.07 4.9 402 880 14 124 7 8 2 5.4 19 0.01
KL36-06 269.2 270.4 0.419 4190 0.52 12.4 374 342 120 180 44 11 5 11.1 57 0.01
KL36-06 270.4 273.5 0.78 7800 1.14 27.8 850 660 410 59 139 13 10.1 2.5 60 0.11
KL36-06 273.5 275.5 1.56 15600 1 18.3 151 149 56 365 48 27 8 16.5 127 0.3
KL36-06 275.5 278.5 1.03 10300 0.5 10.1 184 164 100 29 32 15 24 40.0 93 0.14
KL36-06 278.5 281.5 2.35 23500 0.6 17 190 339 80 20 24 10 19 41.8 130 0.22
KL36-06 281.5 283.7 2.57 25700 0.62 14.5 100 124 70 13 8 5 22 37.5 56 0.22
KL36-06 283.7 285.6 1.93 19300 0.86 13.2 104 136 50 31 6 3 17 30.0 99 0.1
KL36-06 285.6 287.5 7.25 72500 1.38 23.4 287 490 70 8 64 7 36 37.5 43 0.11
KL36-06 287.5 290.5 1.52 15200 0.69 18.5 186 380 70 5 33 2 17.7 57.0 23 0.1
KL36-06 290.5 293.5 2.56 25600 1.43 42 440 650 100 15 100 4 32 68.0 30 0.23
KL36-06 293.5 295.7 0.57 5700 1.39 16.5 620 1460 27 79 38 6 2.3 10.6 24 0.1
KL36-06 295.7 297 10.8 108000 5.8 39 241 175 130 88 97 52 75 20.0 92 0.26
KL36-06 297 299.5 18.2 182000 2.77 49 168 95 600 11 86 1 435 20.0 48 0.65
KL36-06 299.5 302.5 11 110000 2.71 70 121 67 83 15 49 1 95 15.0 90 0.76
KL36-06 302.5 305.5 2.88 28800 0.97 16.4 131 142 50 30 56 20 5.3 9.0 74 0.14
KL36-06 305.5 308.5 0.364 3640 0.2 8.4 3370 2150 33 6 8 1 6.2 7.0 23 0.1
KL36-06 308.5 311.5 0.34 3400 0.18 2.5 1340 510 60 15 3 1 3.9 4.0 25 0.01
KL36-06 311.5 314.5 0.553 5530 0.26 12.5 7400 2780 44 31 12 7 6.5 7.3 31 0.1
KL36-06 314.5 317.5 0.751 7510 1.04 34.7 46000 16500 1160 28 24 7 22 16.0 85 4.32
KL36-06 317.5 320.1 6.5 65000 1.32 103 8270 2900 500 11 86 60 60 27.5 110 1.48
KL36-06 320.1 322.5 2.89 28900 0.91 63 18000 7700 710 37 72 65 30 18.0 71 2.1
KL36-06 322.5 325.5 1.47 14700 0.91 9.7 2550 570 68 14 7 21 6.9 10.5 41 0.13
KL36-06 325.5 328.4 1.84 18400 1.76 5 850 320 79 22 7 17 4.4 13.5 56 0.01
KL36-06 328.4 330.6 1.31 13100 0.72 12 3730 980 48 240 68 46 3.9 15.0 27 0.01
KL36-06 330.6 332.5 1.01 10100 0.6 11.2 1810 1570 47 180 38 37 4.6 16.5 59 0.01
KL36-06 332.5 335.5 2.43 24300 0.56 3.7 950 240 460 58 6 16 22 61.0 100 1.43
KL36-06 335.5 338.5 1.39 13900 0.6 2.5 3780 2890 710 271 4 35 9.9 63.5 45 6.62
KL36-06 338.5 341.5 6.35 63500 0.86 5.2 1480 1390 560 108 4 29 8.2 25.0 101 2.4
KL36-06 341.5 344.4 0.61 6100 0.23 3.2 8200 600 43 64 4 66 5 4.3 28 0.01
KL36-06 344.4 347.5 0.45 4500 0.23 2.1 5100 159 35 49 3 60 3.1 8.8 18 0.01
KL36-06 347.5 349.5 1.41 14100 0.57 3 1220 67 23 271 3 35 1.9 8.5 19 0.01
KL36-06 349.5 352.5 1.73 17300 0.59 3.4 1350 103 16 242 3 48 2.9 10.5 26 0.01
KL36-06 352.5 353.5 1.27 12700 0.39 3.1 1050 175 20 498 2 42 2.3 7.5 21 0.01
KL36-06 353.5 356.5 0.63 6300 0.34 2 970 81 26 90 1 43 2.4 6.8 54 0.01
KL36-06 356.5 359.5 0.58 5800 0.2 2.4 425 73 20 59 2 22 3.4 4.5 16 0.01
KL36-06 359.5 362.5 0.66 6600 0.23 2 660 165 24 188 1 30 1.6 4.0 20 0.01
KL36-06 362.5 365.5 0.57 5700 0.39 2.5 820 34 25 25 7 45 2 6.3 18 0.01
KL36-06 365.5 368.5 0.513 5130 0.38 3.4 1840 236 26 82 19 18 3.7 8.5 20 0.01
KL36-06 368.5 371.5 0.3 3000 0.11 1.5 317 65 14 134 2 3 1.6 4.2 29 0.01
KL36-06 371.5 374.5 0.32 3200 0.21 2 415 175 6 46 3 6 0.7 11.3 30 0.01



Appendix V - 289 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-06 374.5 377.5 1.25 12500 1.86 9.1 1340 56 12 8 24 15 1.1 19.0 31 0.01
KL36-06 377.5 380.5 2 20000 2.47 5 190 57 10 14 3 31 0.7 15.0 41 0.2
KL36-06 380.5 383 2.22 22200 2 3.5 106 20 2 7 2 31 0.01 26.0 26 0.01
KL36-06 383 386 1.74 17400 1.28 4.1 164 145 12 16 3 33 1.8 23.0 42 0.01
KL36-06 386 389 4.12 41200 1.74 7.8 341 39 3 275 3 48 1.3 26.5 26 0.01
KL36-06 389 392 3.2 32000 1.46 5.7 331 20 0.01 20 3 64 0.9 18.0 27 0.01
KL36-06 392 395 2.26 22600 0.89 5.3 412 36 3 12 3 46 1.6 8.7 41 0.01
KL36-06 395 397.7 0.76 7600 0.65 2.2 359 27 6 8 4 76 1.8 10.3 47 0.01
KL36-06 397.7 400.5 2.59 25900 1.96 6.2 710 17 8 9 8 79 1.8 20.0 42 0.01
KL36-06 400.5 402.8 0.99 9900 1.16 2.2 117 47 4 64 1 32 0.4 12.9 99 0.01
KL36-06 402.8 404.5 0.52 5200 0.54 1.3 198 30 5 181 0.01 38 0.3 7.3 60 0.01
KL36-06 404.5 407.5 2.32 23200 2.48 5.2 193 22 0.01 11 2 40 1 43.5 37 0.01
KL36-06 407.5 410.5 1.26 12600 2.47 2.2 112 21 0.01 5 1 37 0.01 22.0 46 0.01
KL36-06 410.5 413.5 3.83 38300 5.55 7.8 301 30 0.01 8 1 65 0.01 25.0 39 0.01
KL36-06 413.5 416.5 3 30000 3.68 9.9 241 46 0.01 5 5 47 1.6 34.0 54 0.01
KL36-06 416.5 419.5 4.55 45500 3.48 11.8 800 87 0.01 11 0.01 70 0.3 18.0 64 0.01
KL36-06 419.5 422.5 5.31 53100 2.96 14.2 235 73 5 1260 4 37 1.1 37.5 97 0.01
KL36-06 422.5 424.2 3.56 35600 1.31 11.4 114 35 5 279 3 26 0.8 22.0 84 0.01
KL36-06 424.2 426 1.73 17300 0.51 5.1 55 20 4 690 3 12 0.4 9.8 96 0.01
KL36-06 426 427.8 1.25 12500 0.53 3 62 21 4 88 2 13 0.6 8.5 125 0.01
KL36-06 427.8 429.5 0.8 8000 0.52 1.8 65 12 3 60 0.01 8 0.01 5.0 133 0.01
KL36-06 429.5 431 0.855 8550 0.2 2.1 35 10 3 102 1 7 0.01 4.8 125 0.01
KL36-06 431 434 0.94 9400 0.51 2 69 11 3 100 1 10 0.01 5.0 147 0.01
KL36-06 434 436.9 1.13 11300 0.52 3.8 47 21 3 440 6 15 0.8 13.5 88 0.01
KL36-06 436.9 439.5 0.93 9300 1.11 2.3 74 13 0.01 35 1 9 0.3 5.8 100 0.01
KL36-06 439.5 441.4 2.48 24800 0.74 6.2 44 8 0.01 45 4 7 0.5 3.8 24 0.01
KL36-06 441.4 443.5 1.02 10200 0.5 3.6 31 8 0.01 67 2 5 0.5 3.5 119 0.01
KL36-06 443.5 446.5 1.01 10100 0.65 3.1 64 25 0.01 54 1 5 0.3 6.5 116 0.01
KL36-06 446.5 449.5 0.45 4500 0.42 2.1 88 17 0.01 48 2 6 0.3 3.5 129 0.01
KL36-06 449.5 452.5 0.37 3700 0.24 1.2 63 30 0.01 92 2 3 0.6 3.3 147 0.01
KL36-06 452.5 455.5 0.26 2600 0.15 1.2 197 75 0.01 64 1 4 0.4 3.0 175 0.01
KL36-06 455.5 458.5 0.32 3200 0.19 1.7 370 85 0.01 75 2 5 0.4 4.0 131 0.01
KL36-06 458.5 461.5 0.24 2400 0.08 0.9 87 41 0.01 40 0.01 4 0.2 1.8 142 0.01
KL36-06 461.5 464.5 0.183 1830 0.06 0.9 550 143 0.01 46 0.01 3 0.4 2.3 162 0.01
KL36-06 464.5 467.5 0.5 5000 0.1 1 74 27 0.01 55 1 4 1.2 4.5 203 0.01
KL36-06 467.5 470.5 0.34 3400 0.18 1.3 76 27 0.01 29 2 5 0.4 2.5 135 0.01
KL36-06 470.5 473.5 0.29 2900 0.15 1.2 305 111 0.01 89 1 4 1.2 3.0 146 0.01
KL36-06 473.5 476.5 0.25 2500 0.05 1 95 45 0.01 11 0.01 6 0.4 2.3 176 0.01
KL36-06 476.5 479.5 1.31 13100 0.55 4.2 251 116 0.01 20 1 3 0.6 1.6 141 0.01
KL36-06 479.5 482.5 0.43 4300 0.1 1.4 34 14 0.01 102 1 4 0.3 4.0 110 0.01
KL36-06 482.5 485.5 0.26 2600 0.1 0.9 49 14 0.01 35 1 5 0.3 2.6 119 0.01
KL36-06 485.5 488.5 0.12 1200 0.05 0.9 76 14 0.01 23 1 4 0.6 1.2 143 0.01
KL36-06 488.5 491.5 0.178 1780 0.06 1 120 27 0.01 38 1 5 0.01 2.0 157 0.01
KL36-06 491.5 494.5 0.17 1700 0.03 0.7 39 12 0.01 36 0.01 4 0.01 1.5 166 0.01
KL36-06 494.5 497.5 1.02 10200 0.57 2.6 30 14 5 103 1 10 0.01 6.9 118 0.01
KL36-06 497.5 500.5 0.183 1830 0.11 0.6 29 10 0.01 53 0.01 4 0.2 2.5 143 0.01
KL36-06 500.5 503.5 1.04 10400 0.69 2.5 71 30 0.01 73 1 9 0.2 7.5 89 0.01
KL36-06 503.5 506.5 0.25 2500 0.14 1.7 210 100 0.01 45 3 4 0.2 3.5 148 0.01
KL36-06 506.5 509.5 0.36 3600 0.2 2 332 125 58 123 2 16 7.2 5.5 127 0.01
KL36-06 509.5 512.5 0.25 2500 0.09 0.9 105 46 19 32 1 4 3.8 3.0 126 0.01
KL36-06 512.5 514 0.37 3700 0.06 0.8 38 21 0.01 17 0.01 3 0.4 4.3 216 0.01
KL36-06 514 516.5 0.21 2100 0.02 0.5 44 20 0.01 22 0.01 3 0.01 1.8 153 0.01
KL36-06 516.5 518.5 0.25 2500 0.05 0.7 192 83 0.01 30 0.01 6 0.4 2.8 122 0.01
KL36-06 518.5 521.5 0.25 2500 0.04 0.7 48 21 0.01 26 0.01 4 0.01 3.0 157 0.01
KL36-06 521.5 524.5 0.44 4400 0.1 1.1 132 48 10 50 0.01 2 0.8 3.5 137 0.01
KL36-06 524.5 527.5 0.61 6100 0.14 1.5 194 58 34 73 1 6 6.5 6.0 160 0.01
KL36-06 527.5 530.5 0.33 3300 0.08 0.9 59 24 3 74 0.01 9 0.4 4.0 179 0.01
KL36-06 530.5 533.5 0.3 3000 0.05 0.6 41 13 4 46 0.01 6 0.01 3.5 183 0.01
KL36-06 533.5 535.3 0.3 3000 0.05 0.6 62 24 22 63 1 3 3.9 3.3 176 0.01
KL36-06 535.3 537.2 0.28 2800 0.04 0.7 39 16 3 45 0.01 2 0.01 3.2 231 0.01
KL36-06 537.2 539.5 0.25 2500 0.02 0.6 41 19 0.01 34 0.01 3 0.5 3.0 230 0.01
KL36-06 539.5 542.5 0.174 1740 0.04 0.8 46 20 16 68 0.01 4 0.8 3.8 219 0.01
KL36-06 542.5 545.5 0.145 1450 0.13 5 2780 182 398 40 1 9 3.6 2.3 283 0.01



Appendix V - 290 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-06 545.5 548.5 0.026 260 0.02 0.1 45 16 5 22 0.01 8 0.6 4.0 293 0.01
KL36-06 548.5 551.5 0.25 2500 0.26 0.7 93 12 7 38 0.01 10 0.5 5.4 196 0.01
KL36-06 551.5 554.5 0.052 520 0.01 0.1 48 7 9 1070 0.01 8 0.4 6.0 69 0.01
KL36-06 554.5 557.5 0.056 560 0.01 0.1 11 8 10 56 0.01 6 1.1 2.0 75 0.01
KL36-06 557.5 560.5 0.0247 247 0.04 0.1 150 30 14 59 1 6 0.5 0.8 263 0.01
KL36-06 560.5 563.5 0.064 640 0.04 0.1 310 40 22 63 0.01 2 0.5 1.3 304 0.01
KL36-06 563.5 566.5 0.126 1260 0.12 0.9 580 54 11 65 1 5 0.9 3.0 228 0.01
KL36-06 566.5 569.5 0.18 1800 0.07 0.1 40 10 0.01 31 0.01 2 0.01 2.5 190 0.01
KL36-06 569.5 572.5 0.163 1630 0.07 0.5 15 5 0.01 41 1 5 0.01 2.5 168 0.01
KL36-06 572.5 575.5 0.135 1350 0.05 0.5 80 24 8 38 1 6 0.7 2.5 24 0.01
KL36-06 575.5 578.5 0.063 630 0.02 0.6 151 50 9 45 1 5 0.5 2.0 36 0.01
KL36-06 578.5 581.5 0.062 620 0.03 0.1 61 43 32 42 1 6 1.2 1.8 192 0.01
KL36-06 581.5 584.5 0.061 610 0.04 0.5 101 36 18 58 1 3 1.4 1.0 216 0.01
KL36-06 584.5 587.5 0.045 450 0.04 0.1 74 29 5 188 0.01 3 0.4 1.5 203 0.01
KL36-06 587.5 590.5 0.046 460 0.02 0.1 47 23 19 33 0.01 2 0.6 0.8 150 0.01
KL36-06 590.5 593.5 0.103 1030 0.03 0.1 78 29 6 22 0.01 2 0.7 0.8 200 0.01
KL36-06 593.5 596.5 0.047 470 0.02 0.1 131 36 3 19 0.01 3 0.3 0.8 199 0.01
KL36-06 596.5 599.5 0.121 1210 0.02 0.7 156 44 25 31 1 2 3.8 1.0 60 0.01
KL36-06 599.5 602.3 0.07 700 0.01 0.1 72 28 21 18 0.01 2 0.9 0.5 44 0.01
KL36-06 602.3 605.3 0.078 780 0.06 0.1 240 40 2 31 0.01 3 0.01 0.8 206 0.01
KL36-06 605.3 608.3 0.107 1070 0.04 0.6 108 57 10 64 0.01 1 2.8 0.8 260 0.01
KL36-06 608.3 610.2 0.137 1370 0.05 0.1 35 17 9 29 0.01 2 1 0.8 163 0.01
KL36-06 610.2 612.7 0.078 780 0.03 0.1 80 26 4 46 0.01 1 0.6 1.1 222 0.01
KL36-06 612.7 614.5 0.047 470 0.01 0.1 47 17 0.01 31 0.01 2 0.4 2.5 216 0.01
KL36-06 614.5 616.8 0.075 750 0.01 0.1 50 18 34 28 0.01 1 1.9 0.8 222 0.01
KL36-06 616.8 619.8 0.081 810 0.02 0.7 43 25 110 29 0.01 2 3.4 1.2 43 0.01
KL36-06 619.8 622.5 0.108 1080 0.01 0.1 51 26 200 23 0.01 2 8.8 1.0 34 0.01
KL36-06 622.5 625.4 0.078 780 0.01 0.1 24 19 180 20 0.01 2 4.8 0.5 24 0.01
KL36-06 625.4 628.5 0.054 540 0.02 0.7 152 105 53 28 1 3 1.5 1.3 28 0.01
KL36-06 628.5 630 0.26 2600 0.11 4.4 114 124 820 29 2 5 17 3.8 44 0.01
KL36-06 630 632.3 0.053 530 0.03 1.2 73 143 120 37 1 4 2.4 2.3 24 0.01
KL36-06 632.3 635.5 0.031 310 0.05 1.7 510 257 56 56 1 7 2.2 3.6 27 0.01
KL36-06 635.5 638.5 0.0246 246 0.02 2 151 144 39 29 5 2 1.3 1.0 27 0.01
KL36-06 638.5 641.5 0.0141 141 0.03 0.1 178 87 32 54 1 3 1.1 1.3 332 0.01
KL36-06 641.5 644.5 0.0108 108 0.02 0.1 304 40 14 26 0.01 4 1.7 0.5 83 0.01
KL36-06 644.5 647.5 0.0064 64 0.05 0.1 144 60 10 13 0.01 7 1.6 2.4 280 0.01
KL36-06 647.5 650.2 0.0053 53 0.05 0.1 45 43 16 16 0.01 6 1.2 1.2 183 0.01
KL36-06 650.2 652.3 0.0228 228 0.07 0.1 78 70 62 31 0.01 2 13.8 0.9 450 0.01
KL36-06 652.3 654.6 0.0062 62 0.03 0.1 53 31 17 15 0.01 2 0.3 0.0 235 0.01
KL36-06 654.6 657.7 0.044 440 0.05 0.1 113 71 160 32 0.01 5 16 1.2 315 0.01
KL36-06 657.7 660.2 0.0053 53 0.01 0.1 73 28 9 37 0.01 3 1.1 0.0 235 0.01
KL36-06 660.2 661.5 0.0065 65 0.01 0.6 106 38 15 30 0.01 4 0.7 0.0 233 0.01
KL36-06 661.5 664.5 0.0068 68 0.01 0.1 133 52 17 24 0.01 3 0.7 0.0 268 0.01
KL36-06 664.5 668 0.0066 66 0.03 0.1 89 46 24 15 0.01 2 1.5 0.7 260 0.01
KL36-06 668 670.7 0.0049 49 0.01 0.1 195 26 9 33 0.01 1 1.2 0.0 262 0.01
KL36-06 670.7 673.8 0.27 2700 0.54 8.7 149 71 930 18 14 5 102 1.1 241 0.01
KL36-06 673.8 676.8 0.069 690 0.04 1.7 80 37 120 20 1 3 10.2 0.8 240 0.01
KL36-06 676.8 678.7 0.0086 86 0.01 0.1 25 15 14 25 0.01 6 0.2 0.0 246 0.01
KL36-06 678.7 680.2 0.0151 151 0.01 0.1 21 19 19 26 0.01 4 0.9 1.2 278 0.01
KL36-06 680.2 682.5 0.0193 193 0.01 0.1 19 11 27 49 0.01 3 0.8 1.3 265 0.01
KL36-06 682.5 685.5 0.0186 186 0.01 0.1 23 8 16 28 0.01 6 1.4 0.5 322 0.01
KL36-06 685.5 687.5 0.0319 319 0.01 0.1 21 7 33 19 0.01 3 3 1.6 303 0.01
KL36-06 687.5 689.5 0.0139 139 0.01 0.1 14 6 8 15 0.01 2 0.7 0.0 268 0.01
KL36-06 689.5 692.5 0.048 480 0.03 0.1 20 9 9 50 0.01 6 0.5 1.3 314 0.01
KL36-06 692.5 695.5 0.043 430 0.01 0.1 17 9 4 23 0.01 5 0.3 1.1 295 0.01
KL36-06 695.5 698.5 0.015 150 0.01 0.1 14 6 8 22 0.01 4 1 0.7 345 0.01
KL36-06 698.5 701.5 0.0134 134 0.01 0.1 17 6 11 131 0.01 18 0.7 3.5 272 0.01
KL36-06 701.5 704.5 0.131 1310 0.03 2.3 46 160 450 25 1 14 38 3.0 258 0.01
KL36-06 704.5 707.5 0.0215 215 0.01 0.1 22 16 8 45 0.01 6 0.2 0.8 208 0.01
KL36-06 707.5 710.5 0.0237 237 0.03 0.1 20 11 20 35 0.01 10 1.3 2.6 249 0.01
KL36-06 710.5 713.5 0.0203 203 0.02 0.1 21 12 3 32 0.01 7 0.3 1.8 224 0.01
KL36-06 713.5 716.5 0.066 660 0.04 0.1 26 13 2 56 0.01 4 0.4 1.0 260 0.01
KL36-06 716.5 719.5 0.0329 329 0.02 0.1 27 12 13 19 0.01 5 0.5 0.9 291 0.01



Appendix V - 291 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-06 719.5 721.2 0.06 600 0.03 0.1 16 15 19 30 0.01 6 1.9 1.3 223 0.01
KL36-06 721.2 725.5 0.045 450 0.01 0.1 18 14 3 17 0.01 4 0.4 0.5 200 0.01
KL36-06 725.5 727.9 0.0384 384 0.02 0.1 24 7 17 26 0.01 3 1.2 1.0 206 0.01
KL36-06 727.9 731 0.08 800 0.02 0.1 49 20 19 42 0.01 2 0.9 1.9 172 0.01
KL36-06 731 733.3 0.0109 109 0.01 1 59 27 10 39 3 3 0.7 0.5 187 0.01
KL36-06 733.3 734.6 0.0168 168 0.01 0.1 28 24 5 24 0.01 3 0.4 0.5 166 0.01
KL36-06 734.6 737.5 0.06 600 0.01 0.1 61 27 4 46 0.01 2 0.4 0.6 185 0.01
KL36-06 737.5 740.5 0.0354 354 0.01 0.1 41 18 5 32 0.01 3 0.4 0.8 150 0.01
KL36-06 740.5 743.1 0.047 470 0.01 0.1 27 7 7 54 0.01 4 0.6 1.2 181 0.01
KL36-06 743.1 744.8 0.076 760 0.01 0.1 19 8 18 27 0.01 3 0.5 0.0 196 0.01
KL36-06 744.8 747.5 0.192 1920 0.05 0.1 19 27 12 92 0.01 2 0.4 2.0 25 0.01
KL36-06 747.5 749.5 0.143 1430 0.02 0.1 14 16 9 50 0.01 2 0.6 0.8 39 0.01
KL36-06 749.5 752.5 0.095 950 0.01 0.1 32 17 6 26 0.01 2 0.7 0.8 211 0.01
KL36-06 752.5 755.5 0.088 880 0.03 0.1 21 8 0.01 24 0.01 3 0.2 0.7 178 0.01
KL36-06 755.5 758.5 0.078 780 0.04 0.1 23 9 7 27 0.01 2 0.2 1.0 219 0.01
KL36-06 758.5 761.5 0.144 1440 0.05 0.1 42 11 8 44 0.01 2 0.5 1.4 172 0.01
KL36-06 761.5 764.5 0.0225 225 0.01 0.1 14 12 16 96 0.01 5 0.7 1.5 270 0.01
KL36-06 764.5 767.5 0.0418 418 0.01 0.6 52 50 63 39 0.01 1 1.1 0.9 245 0.01
KL36-06 767.5 770.5 0.065 650 0.03 0.7 119 180 51 57 0.01 1 1.1 1.3 195 0.01
KL36-06 770.5 773.5 0.065 650 0.03 0.1 86 34 5 78 0.01 4 0.4 1.2 65 0.01
KL36-06 773.5 776.5 0.079 790 0.08 0.1 16 6 0.01 57 0.01 14 0.3 3.2 176 0.01
KL36-06 776.5 779.5 0.0294 294 0.01 0.1 16 6 0.01 48 0.01 4 0.01 1.0 191 0.01
KL36-06 779.5 782.5 0.0301 301 0.02 0.1 26 7 1 44 0.01 8 0.01 2.7 126 0.01
KL36-06 782.5 785.5 0.062 620 0.03 0.1 78 38 13 74 0.01 3 0.7 1.3 176 0.01
KL36-06 785.5 788.5 0.112 1120 0.03 0.1 27 9 5 76 0.01 1 0.2 1.3 208 0.01
KL36-06 788.5 791.5 0.096 960 0.04 0.1 165 240 110 54 0.01 3 3.6 3.1 262 0.01
KL36-06 791.5 794.5 0.078 780 0.02 0.1 21 12 2 39 0.01 3 0.2 1.3 189 0.01
KL36-06 794.5 797.5 0.091 910 0.03 0.1 38 14 0.01 56 0.01 1 0.01 1.5 226 0.01
KL36-06 797.5 800.5 0.157 1570 0.04 0.1 25 9 2 58 0.01 1 0.01 1.8 268 0.01
KL36-06 800.5 803.5 0.095 950 0.03 0.1 62 22 0.01 51 0.01 1 0.01 1.5 259 0.01
KL36-06 803.5 806.5 0.07 700 0.02 0.1 27 9 0.01 28 0.01 1 0.01 0.7 175 0.01
KL36-06 806.5 809.5 0.094 940 0.04 0.1 51 14 4 15 0.01 1 0.01 1.7 156 0.01
KL36-06 809.5 812.5 0.086 860 0.01 0.1 47 17 1 13 0.01 3 0.2 1.1 301 0.01
KL36-06 812.5 815.5 0.071 710 0.01 0.1 75 28 13 24 0.01 1 0.6 1.0 165 0.01
KL36-06 815.5 818.5 0.095 950 0.06 1.4 110 85 23 44 3 2 3.2 1.2 150 0.01
KL36-06 818.5 820.5 0.117 1170 0.03 0.1 30 12 2 21 0.01 1 0.01 0.9 132 0.01
KL36-06 820.5 823.5 0.026 260 0.04 0.1 22 17 14 27 0.01 42 1.9 2.0 166 0.01
KL36-06 823.5 826.6 0.044 440 0.02 0.1 25 24 65 33 0.01 2 1.7 1.0 221 0.01
KL36-06 826.6 829.8 0.172 1720 0.03 0.1 26 10 2 18 0.01 1 0.01 2.0 161 0.01
KL36-06 829.8 833 0.061 610 0.01 0.1 19 9 0.01 21 0.01 1 0.01 0.6 165 0.01
KL36-06 833 836.1 0.067 670 0.02 0.1 18 12 0.01 20 0.01 2 0.01 0.6 164 0.01
KL36-06 836.1 839.2 0.068 680 0.03 0.1 14 6 0.01 28 0.01 1 0.01 1.0 174 0.01
KL36-06 839.2 842.2 0.152 1520 0.07 0.1 16 5 0.01 30 0.01 1 0.01 2.2 138 0.01
KL36-06 842.2 845.2 0.106 1060 0.03 0.1 39 9 7 17 0.01 1 0.01 0.5 158 0.01
KL36-06 845.2 848.3 0.094 940 0.01 0.1 25 5 0.01 21 0.01 1 0.01 0.6 186 0.01
KL36-06 848.3 850.9 0.0378 378 0.01 0.1 29 10 9 42 0.01 1 0.3 0.0 174 0.01
KL36-06 850.9 854 0.05 500 0.02 0.1 20 14 48 15 0.01 1 1.3 1.3 180 0.01
KL36-06 854 857.1 0.045 450 0.01 0.1 48 26 18 27 0.01 3 0.7 0.9 151 0.01
KL36-06 857.1 860.3 0.126 1260 0.03 0.1 19 6 1 16 0.01 2 0.01 1.3 220 0.01
KL36-06 860.3 863.3 0.078 780 0.04 0.1 23 11 1 14 0.01 1 0.01 1.5 208 0.01
KL36-06 863.3 866.5 0.09 900 0.04 0.1 149 24 2 21 0.01 1 0.3 1.9 221 0.01
KL36-06 866.5 869.5 0.098 980 0.04 0.1 38 11 0.01 50 0.01 1 0.01 1.1 223 0.01
KL36-06 869.5 872.5 0.131 1310 0.04 0.1 21 7 1 31 0.01 1 0.01 1.7 175 0.01
KL36-06 872.5 874.5 0.121 1210 0.02 0.1 57 19 13 28 0.01 2 1.4 1.4 203 0.01
KL36-06 874.5 876.5 0.096 960 0.01 0.1 82 26 24 45 0.01 4 1.1 1.3 133 0.01
KL36-06 876.5 878.5 0.0383 383 0.02 0.1 59 17 72 25 1 43 3.6 10.6 192 0.01
KL36-06 878.5 881.5 0.0396 396 0.03 0.1 79 24 19 33 1 9 0.7 2.7 198 0.01
KL36-06 881.5 884.5 0.08 800 0.04 0.1 27 5 1 27 0.01 4 0.01 2.4 170 0.01
KL36-06 884.5 886.5 0.079 790 0.02 0.1 46 19 17 38 0.01 6 0.4 2.9 339 0.01
KL36-06 886.5 889.6 0.032 320 0.01 0.1 16 7 5 32 0.01 59 0.3 6.4 190 0.01
KL36-06 889.6 892.5 0.0204 204 0.03 0.1 41 12 15 70 1 17 3.8 3.0 118 0.01
KL36-06 892.5 894.7 0.0268 268 0.02 0.1 54 18 15 32 0.01 38 3 6.9 138 0.01
KL36-06 894.7 897.8 0.0371 371 0.01 0.1 23 8 2 30 0.01 14 0.01 1.9 103 0.01



Appendix V - 292 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-06 897.8 900.9 0.06 600 0.02 0.1 14 5 0.01 25 0.01 1 0.01 1.2 154 0.01
KL36-06 900.9 904.1 0.054 540 0.01 0.1 15 6 0.01 36 0.01 3 0.01 1.4 268 0.01
KL36-06 904.1 907.2 0.068 680 0.01 0.1 20 7 0.01 26 0.01 1 0.01 1.0 171 0.01
KL36-06 907.2 909.5 0.043 430 0.01 0.1 31 12 0.01 30 0.01 2 0.01 0.8 95 0.01
KL36-06 909.5 911.3 0.058 580 0.01 0.1 40 10 4 39 0.01 4 0.4 0.9 230 0.01
KL36-06 911.3 913.5 0.158 1580 0.03 0.1 15 5 0.01 30 0.01 1 0.01 2.3 188 0.01
KL36-06 913.5 916.5 0.06 600 0.03 0.1 13 7 0.01 15 0.01 1 0.01 0.6 135 0.01
KL36-06 916.5 919.5 0.104 1040 0.02 1.7 30 22 150 19 1 5 26 1.9 286 0.01
KL36-06 919.5 922.5 0.0363 363 0.01 0.1 35 5 2 20 0.01 4 0.2 0.8 259 0.01
KL36-06 922.5 925.5 0.056 560 0.01 0.1 29 6 0.01 28 0.01 3 0.01 1.2 268 0.01
KL36-06 925.5 928.5 0.061 610 0.01 0.1 32 11 0.01 29 0.01 1 0.3 1.2 311 0.01
KL36-06 928.5 931 0.047 470 0.02 0.1 14 5 0.01 33 0.01 2 0.01 0.9 176 0.01
KL36-06 931 934.1 0.051 510 0.02 0.1 13 5 0.01 33 0.01 3 0.5 0.7 156 0.01
KL36-06 934.1 937.2 0.052 520 0.04 0.1 16 6 0.01 17 0.01 1 0.01 0.9 200 0.01
KL36-06 937.2 940.3 0.109 1090 0.05 0.1 11 5 0.01 25 0.01 1 0.01 1.4 189 0.01
KL36-06 940.3 943.5 0.4 4000 0.15 0.1 9 5 2 11 0.01 1 0.01 1.6 191 0.01
KL36-06 943.5 946.5 0.27 2700 0.11 0.1 53 20 0.01 24 0.01 1 0.01 2.1 189 0.01
KL36-06 946.5 949.5 0.082 820 0.03 0.1 15 8 0.01 36 0.01 1 0.01 1.3 150 0.01
KL36-06 949.5 952.5 0.105 1050 0.03 0.1 43 18 0.01 30 0.01 1 0.01 1.4 407 0.01
KL36-06 952.5 955.5 0.105 1050 0.03 0.1 22 5 0.01 54 0.01 1 0.01 1.6 195 0.01
KL36-06 955.5 958.5 0.061 610 0.01 0.1 21 9 0.01 13 0.01 5 0.01 1.1 197 0.01
KL36-06 958.5 961.5 0.078 780 0.01 0.1 37 9 0.01 26 0.01 1 0.2 1.0 143 0.01
KL36-06 961.5 964.5 0.044 440 0.01 0.1 34 20 5 21 0.01 3 0.01 1.5 315 0.01
KL36-06 964.5 967.5 0.06 600 0.01 0.1 88 22 3 27 0.01 1 0.8 0.8 261 0.01
KL36-06 967.5 970.5 0.062 620 0.02 0.1 38 7 0.01 22 0.01 3 0.01 1.2 219 0.01
KL36-06 970.5 973.5 0.06 600 0.01 0.1 18 7 0.01 26 0.01 14 0.01 1.4 163 0.01
KL36-06 973.5 976.3 0.067 670 0.02 0.1 15 6 0.01 37 0.01 7 0.01 1.7 225 0.01
KL36-06 976.3 979.4 0.101 1010 0.06 0.1 11 5 0.01 52 0.01 5 0.01 1.9 137 0.01
KL36-06 979.4 982.5 0.101 1010 0.03 0.1 20 7 0.01 26 0.01 2 0.01 1.5 233 0.01
KL36-06 982.5 985.5 0.07 700 0.04 0.1 13 5 0.01 57 0.01 3 0.01 1.3 175 0.01
KL36-06 985.5 988.5 0.0317 317 0.01 0.1 12 5 0.01 40 0.01 6 0.01 1.9 119 0.01
KL36-06 988.5 991.5 0.08 800 0.01 0.1 55 8 0.01 54 0.01 6 0.01 1.3 206 0.01
KL36-06 991.5 994.5 0.052 520 0.01 0.1 39 8 0.01 36 0.01 2 0.2 0.8 213 0.01
KL36-06 994.5 997.5 0.0297 297 0.01 0.1 28 6 0.01 20 0.01 7 0.01 1.3 144 0.01
KL36-06 997.5 1000.5 0.025 250 0.01 0.1 117 10 8 43 0.01 5 0.8 1.0 218 0.01
KL36-06 1000.5 1003.5 0.051 510 0.01 0.1 23 5 0.01 24 0.01 6 0.01 1.0 202 0.01
KL36-06 1003.5 1006.5 0.048 480 0.01 0.1 24 1 0.01 25 0.01 5 0.01 0.9 129 0.01
KL36-06 1006.5 1009.4 0.035 350 0.01 0.1 40 10 0.01 13 0.01 12 0.01 1.2 175 0.01
KL36-06 1009.4 1012.5 0.048 480 0.02 0.1 62 10 0.01 11 0.01 8 0.01 1.4 136 0.01
KL36-06 1012.5 1015.5 0.0379 379 0.03 0.1 47 9 0.01 13 0.01 10 0.01 0.9 123 0.01
KL36-06 1015.5 1018.5 0.07 700 0.02 0.1 45 6 0.01 26 0.01 6 0.01 0.7 106 0.01
KL36-06 1018.5 1021.5 0.06 600 0.02 0.1 33 6 0.01 13 0.01 16 0.01 2.8 128 0.01
KL36-06 1021.5 1024 0.1 1000 0.02 0.1 18 7 0.01 12 0.01 11 0.01 0.9 69 0.01
KL36-06 1024 1027 0.06 600 0.02 0.1 16 7 0.01 18 0.01 10 0.01 0.9 118 0.01
KL36-06 1027 1030.1 0.085 850 0.02 0.1 69 5 0.01 10 0.01 10 0.01 0.8 72 0.01
KL36-06 1030.1 1033.2 0.12 1200 0.03 0.1 31 6 0.01 12 0.01 6 0.01 0.8 129 0.01
KL36-06 1033.2 1036.3 0.144 1440 0.02 0.1 15 5 0.01 20 0.01 6 0.01 0.8 168 0.01
KL36-06 1036.3 1039.4 0.176 1760 0.12 0.1 54 13 2 16 0.01 15 0.01 2.2 84 0.01
KL36-06 1039.4 1042.5 0.101 1010 0.04 0.1 28 5 0.01 9 0.01 6 0.01 0.5 72 0.01
KL36-06 1042.5 1045.5 0.057 570 0.09 0.1 80 53 38 17 0.01 5 0.4 1.5 76 0.01
KL36-07 0 7.3 0.0013 13 0.02 0.9 570 357 7 2 0.01 1 1.5 2.8 14 0.01
KL36-07 7.3 10.3 0.0019 19 0.01 0.7 214 165 4 2 0.01 1 0.6 2.0 16 0.01
KL36-07 10.3 12.7 0.0026 26 0.03 1.1 860 850 6 7 0.01 1 2.6 2.3 16 0.01
KL36-07 12.7 14.8 0.0021 21 0.04 0.9 530 375 7 2 0.01 1 1.6 2.3 16 0.01
KL36-07 14.8 17.6 0.0015 15 0.02 0.1 107 78 9 3 0.01 1 0.9 1.3 20 0.01
KL36-07 17.6 20.7 0.0017 17 0.02 0.1 93 56 6 1 0.01 1 0.7 0.6 16 0.01
KL36-07 20.7 23 0.0022 22 0.04 1.1 780 550 9 3 0.01 1 1.8 2.8 18 0.01
KL36-07 23 26 0.0009 9 0.05 0.8 670 308 9 1 0.01 1 1 2.0 18 0.01
KL36-07 26 28.5 0.001 10 0.04 0.9 520 530 9 1 0.01 1 1.1 2.6 19 0.01
KL36-07 28.5 32 0.0027 27 0.08 2.4 1270 1170 13 2 0.01 1 3.3 2.8 21 0.01
KL36-07 32 35 0.0126 126 0.09 29 1370 11800 40 2 0.01 1 58 13.5 17 0.1
KL36-07 35 38 0.0046 46 0.03 18 810 6400 17 1 0.01 1 32 5.5 15 0.01
KL36-07 38 41 0.0014 14 0.07 0.8 850 440 8 2 0.01 1 3.4 2.5 15 0.01



Appendix V - 293 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-07 41 44 0.001 10 0.04 0.9 1100 500 12 1 0.01 1 5.4 2.8 23 0.01
KL36-07 44 47 0.0018 18 0.06 0.8 1150 650 16 3 0.01 1 6.8 2.3 24 0.01
KL36-07 47 51 0.063 630 0.03 0.8 970 580 8 30 0.01 1 5.7 2.0 23 0.01
KL36-07 51 56 0.002 20 0.06 0.9 940 510 8 4 0.01 1 2.7 2.3 29 0.01
KL36-07 56 59 0.0037 37 0.07 1.1 1290 790 16 3 0.01 1 2.5 2.3 34 0.01
KL36-07 59 65 0.0015 15 0.03 0.6 690 560 4 1 0.01 1 1 1.5 29 0.01
KL36-07 65 68 0.001 10 0.01 0.1 510 490 3 1 0.01 1 1.1 1.5 30 0.01
KL36-07 68 71 0.0008 8 0.01 0.6 540 490 5 1 0.01 1 0.9 1.7 23 0.01
KL36-07 71 74 0.0009 9 0.01 0.6 550 550 3 1 0.01 1 0.8 1.9 23 0.01
KL36-07 74 80 0.001 10 0.06 0.1 530 450 2 1 0.01 1 0.7 1.5 27 0.01
KL36-07 80 83 0.0019 19 0.05 1.2 620 700 5 1 0.01 1 0.01 3.0 34 0.01
KL36-07 83 89 0.0014 14 0.04 0.6 590 560 2 1 0.01 1 2.6 2.0 21 0.01
KL36-07 89 94 0.0016 16 0.01 0.8 800 600 9 1 0.01 1 0.7 2.8 18 0.01
KL36-07 94 98 0.0026 26 0.07 1.2 960 1110 15 2 0.01 1 1.3 6.8 20 0.01
KL36-07 98 107 0.0013 13 0.09 0.7 440 510 12 2 0.01 1 1.5 1.8 22 0.01
KL36-07 107 110 0.0009 9 0.05 0.1 500 398 9 1 0.01 1 1.5 1.5 23 0.01
KL36-07 110 118.8 0.0033 33 0.04 3.9 2880 4750 26 1 0.01 1 6 5.8 21 0.01
KL36-07 118.8 122.7 0.0025 25 0.03 1.4 1100 1010 11 3 0.01 1 4.1 5.3 23 0.01
KL36-07 122.7 128 0.0022 22 0.01 0.8 1050 660 8 1 0.01 1 1.2 3.5 20 0.01
KL36-07 128 131 0.0019 19 0.01 0.1 570 324 12 1 0.01 1 0.7 3.0 24 0.01
KL36-07 131 134.9 0.0018 18 0.01 0.7 1080 430 18 2 0.01 1 2.4 5.5 20 0.01
KL36-07 134.9 137.9 0.002 20 0.01 0.7 1020 580 14 2 0.01 1 1.8 6.2 14 0.01
KL36-07 137.9 140.8 0.0016 16 0.03 0.9 1070 720 10 2 0.01 1 2.1 7.8 19 0.01
KL36-07 140.8 143 0.0012 12 0.01 0.1 420 253 5 1 0.01 1 1.5 2.5 19 0.01
KL36-07 143 146 0.0013 13 0.01 0.5 440 359 7 3 0.01 1 1.3 3.3 20 0.01
KL36-07 146 148.6 0.0016 16 0.01 0.5 690 430 7 1 0.01 1 1.1 4.0 16 0.01
KL36-07 148.6 151.5 0.0013 13 0.01 0.7 740 740 6 1 0.01 1 2.1 3.5 16 0.01
KL36-07 151.5 155 0.0017 17 0.01 0.8 1920 1050 10 1 0.01 1 2 8.3 11 0.01
KL36-07 155 158 0.0027 27 0.01 0.5 790 376 10 9 0.01 1 1.9 4.8 16 0.01
KL36-07 158 161 0.001 10 0.04 0.9 460 240 17 4 0.01 1 0.8 2.8 8 0.01
KL36-07 161 164 0.0027 27 0.02 1 980 790 16 6 0.01 1 1.7 4.3 9 0.01
KL36-07 164 167 0.0019 19 0.01 2.1 2500 1700 25 4 0.01 1 4.8 5.3 11 0.01
KL36-07 167 170 0.0027 27 0.05 4 4890 4720 33 4 5 1 7.3 13.4 15 0.01
KL36-07 170 174 0.0036 36 0.04 6.2 7500 10600 56 4 2 1 13.9 12.5 13 0.1
KL36-07 174 176 0.0028 28 0.01 2.2 3760 2360 21 3 1 1 2.5 6.3 9 0.01
KL36-07 176 179 0.0033 33 0.03 2.3 10100 3000 25 2 0.01 1 3.2 7.5 8 0.18
KL36-07 179 181 0.0018 18 0.03 0.9 1570 920 17 4 0.01 1 1.4 4.8 9 0.01
KL36-07 181 184.6 0.0023 23 0.02 0.1 410 282 11 11 0.01 1 0.7 1.8 10 0.01
KL36-07 184.6 187.7 0.0048 48 0.07 8.3 8000 11200 70 5 3 1 18 20.0 8 0.11
KL36-07 187.7 190.8 0.0016 16 0.15 2.1 2640 1450 31 4 0.01 1 2.7 4.3 9 0.01
KL36-07 190.8 193.9 0.0018 18 0.03 1.8 2360 1190 22 5 0.01 1 2.6 5.3 8 0.01
KL36-07 193.9 196 0.0042 42 0.03 2.2 2140 2390 23 6 0.01 1 2.6 6.0 9 0.01
KL36-07 196 199 0.0031 31 0.09 4.7 3400 2400 56 8 0.01 1 6.2 10.0 8 0.01
KL36-07 199 203 0.0128 128 0.16 38 39600 27500 260 21 3 1 64 30.0 10 0.88
KL36-07 203 206 0.0306 306 0.05 11.9 48900 18700 24 20 1 1 17.5 17.5 15 0.13
KL36-07 206 208.5 0.049 490 0.04 9 47300 12500 31 51 3 1 11.1 17.0 13 0.18
KL36-07 208.5 212 0.001 10 0.01 0.1 139 83 5 10 0.01 1 0.9 1.8 11 0.01
KL36-07 212 215 0.0023 23 0.02 0.6 325 171 6 34 0.01 1 0.6 3.3 11 0.01
KL36-07 215 218 0.001 10 0.02 0.8 346 170 7 44 0.01 1 0.9 4.0 9 0.01
KL36-07 218 220.5 0.0033 33 0.01 0.1 204 154 6 43 0.01 1 0.3 2.3 13 0.01
KL36-07 220.5 222.5 0.0046 46 0.02 1.6 3000 2850 6 34 0.01 1 2.5 4.0 15 0.01
KL36-07 222.5 225.5 0.0272 272 0.03 6.2 10100 10600 35 73 3 1 15.1 14.0 19 0.01
KL36-07 225.5 228.9 0.0045 45 0.01 0.6 84 168 5 20 0.01 1 0.01 1.3 20 0.01
KL36-07 228.9 233 0.0068 68 0.01 1.2 640 1440 6 24 1 3 0.8 2.8 16 0.01
KL36-07 233 236 0.0242 242 0.03 1.1 328 660 7 45 1 2 0.3 3.0 22 0.01
KL36-07 236 239 0.0059 59 0.01 1.2 800 850 9 58 3 1 1 2.6 19 0.01
KL36-07 239 242 0.0071 71 0.03 0.7 219 284 10 42 2 1 0.6 2.3 13 0.01
KL36-07 242 245.8 0.0243 243 0.01 8.2 3710 3170 15 29 19 1 1.4 4.1 13 0.01
KL36-07 245.8 249.1 0.0081 81 0.01 1.7 1310 1250 21 29 2 1 0.7 3.0 16 0.01
KL36-07 249.1 252 0.0106 106 0.02 2.3 1180 1410 15 37 4 1 0.5 4.0 13 0.01
KL36-07 252 254.5 0.0105 105 0.01 2.3 1920 1100 9 51 6 3 0.5 3.0 14 0.01
KL36-07 254.5 256.5 0.0148 148 0.01 4.2 1240 920 13 122 8 1 0.7 3.3 18 0.01
KL36-07 256.5 259.2 0.0206 206 0.01 6.2 8700 1560 11 126 12 1 1.2 7.0 18 0.01



Appendix V - 294 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-07 259.2 262 0.0362 362 0.01 2.9 4440 354 18 70 15 4 2.1 8.1 21 0.01
KL36-07 262 265 0.17 1700 0.04 22.1 13800 2200 30 130 59 2 12.6 16.5 15 0.01
KL36-07 265 268 0.148 1480 0.06 15 9300 1500 44 67 47 4 3.4 12.8 18 0.01
KL36-07 268 271.2 0.53 5300 0.08 21.6 29800 3300 65 202 55 22 2.7 34.6 33 0.01
KL36-07 271.2 273.8 0.0245 245 0.06 3.3 2400 1230 26 10 8 4 1.9 8.5 15 0.01
KL36-07 273.8 276.8 0.072 720 0.03 4.5 4050 1220 45 10 13 5 2 7.8 20 0.01
KL36-07 276.8 279.8 0.27 2700 0.09 12 30000 16600 62 28 19 9 3.6 21.0 30 0.01
KL36-07 279.8 282 0.67 6700 0.16 10.1 14200 6100 73 68 12 14 2.6 22.0 34 0.01
KL36-07 282 284 0.87 8700 0.15 7.7 9300 5900 85 29 11 9 3.7 21.0 21 0.01
KL36-07 284 287 0.98 9800 0.17 6.6 8700 3400 84 53 8 18 3.5 26.0 36 0.01
KL36-07 287 290 0.449 4490 0.2 2 3370 275 65 60 8 18 1.8 13.0 22 0.01
KL36-07 290 293 0.248 2480 0.17 2.4 4620 1460 110 8 9 12 4.7 19.6 31 0.01
KL36-07 293 296 0.95 9500 0.43 2.2 800 164 43 61 8 41 13.1 11.8 39 0.01
KL36-07 296 299 1.39 13900 0.23 2.1 168 57 33 52 2 30 1.2 11.0 40 0.01
KL36-07 299 302 2.46 24600 0.53 3 161 45 23 40 1 28 0.6 19.0 69 0.01
KL36-07 302 305 0.36 3600 0.11 0.6 89 26 13 29 1 19 0.01 6.3 55 0.01
KL36-07 305 307.8 0.296 2960 0.22 0.9 500 301 35 43 0.01 10 1.1 5.0 63 0.01
KL36-07 307.8 309.2 0.113 1130 0.05 0.1 87 20 5 87 1 11 0.2 4.0 36 0.01
KL36-07 309.2 311.5 0.88 8800 0.43 1.3 351 150 33 21 2 20 2.5 9.5 67 0.01
KL36-07 311.5 314 0.95 9500 0.52 1 1710 80 25 60 1 19 1.2 10.3 99 0.01
KL36-07 314 317 0.87 8700 0.67 1.1 720 275 44 60 2 39 9.8 22.4 133 0.01
KL36-07 317 320 0.484 4840 0.47 1.2 580 270 38 21 1 15 4.2 2.3 90 0.01
KL36-07 320 323 0.48 4800 0.29 2.9 650 760 58 72 3 13 2.5 6.3 108 0.01
KL36-07 323 326 1.12 11200 0.33 10.4 720 740 120 32 38 14 3.1 16.4 122 0.01
KL36-07 326 328.4 0.21 2100 0.2 5.3 351 300 110 96 17 18 3.2 21.5 211 0.01
KL36-07 328.4 332 0.276 2760 0.2 3.3 160 73 88 174 6 44 7.4 40.2 223 0.01
KL36-07 332 334.9 0.57 5700 0.26 3.8 130 64 34 56 6 25 3.7 24.5 180 0.01
KL36-07 334.9 338.5 0.475 4750 0.17 5.1 130 187 32 12 11 8 2 14.7 152 0.01
KL36-07 338.5 341.6 0.443 4430 0.22 6.8 230 121 9 18 6 11 1.8 11.6 109 0.01
KL36-07 341.6 344.8 1.09 10900 0.34 19.4 650 406 100 187 9 29 1.9 31.0 162 0.01
KL36-07 344.8 348.1 1.26 12600 0.38 13.3 311 142 41 233 14 23 1.7 29.0 131 0.01
KL36-07 348.1 350.3 0.61 6100 0.07 2.2 130 121 30 189 3 6 1 10.5 72 0.01
KL36-07 350.3 353.1 0.8 8000 0.04 3 381 219 11 259 2 5 0.6 13.5 82 0.01
KL36-07 353.1 356 2.18 21800 0.62 3.1 279 53 16 62 3 26 1.7 21.0 126 0.01
KL36-07 356 359 2.4 24000 1.28 3.5 1690 760 17 22 5 24 3.2 13.0 65 0.01
KL36-07 359 362 2.34 23400 1.12 3.3 730 580 11 13 7 28 4 33.5 63 0.01
KL36-07 362 365 0.96 9600 1.08 1.7 4200 189 17 33 3 42 1.4 8.3 59 0.01
KL36-07 365 367.9 1.95 19500 2.76 4 30800 140 57 30 11 111 2.5 29.0 72 0.01
KL36-07 367.9 371 0.79 7900 0.72 2.2 940 50 12 31 24 34 0.5 24.6 79 0.01
KL36-07 371 373.6 2.45 24500 2.03 3.5 780 34 3 17 2 28 0.2 27.0 40 0.01
KL36-07 373.6 376.6 3.32 33200 2.51 5.1 1080 80 1 13 2 23 0.2 20.0 32 0.01
KL36-07 376.6 379.7 0.83 8300 0.67 2.1 540 68 4 3 5 21 0.4 14.8 36 0.01
KL36-07 379.7 382.8 2.03 20300 2.28 2.6 930 22 2 2 2 25 0.01 14.0 38 0.01
KL36-07 382.8 385.9 2.04 20400 1.56 2.9 680 26 2 5 2 23 0.01 19.0 35 0.01
KL36-07 385.9 389 1.61 16100 1.64 2.4 490 67 1 2 3 23 0.01 14.0 30 0.01
KL36-07 389 392 2.07 20700 2.54 3.2 351 22 0.01 2 2 17 0.01 21.0 36 0.01
KL36-07 392 395 3.7 37000 4.86 6.8 750 34 2 28 2 26 0.01 26.0 43 0.01
KL36-07 395 398.3 1.9 19000 2.08 9.3 1290 197 5 31 4 32 0.4 18.0 97 0.01
KL36-07 398.3 400.5 0.68 6800 0.34 6.1 7200 39 11 27 4 68 0.6 59.8 83 0.01
KL36-07 400.5 404.2 0.72 7200 0.4 8.1 135 21 6 7 2 12 0.6 12.3 42 0.01
KL36-07 404.2 407.2 0.66 6600 0.36 6.4 81 28 5 5 4 7 0.3 10.8 70 0.01
KL36-07 407.2 411 1.63 16300 1.18 7.8 160 27 8 9 8 7 0.5 19.0 50 0.01
KL36-07 411 413.2 4.06 40600 1.4 9 106 14 4 11 2 11 0.2 29.0 150 0.01
KL36-07 413.2 415.2 2.97 29700 0.46 5.9 45 13 4 50 1 12 1.1 33.0 56 0.01
KL36-07 415.2 418.7 2.32 23200 0.34 3 37 18 6 67 0.01 11 1.2 22.0 80 0.01
KL36-07 418.7 421.6 1.18 11800 0.18 1.7 25 9 3 383 1 7 0.3 14.5 87 0.01
KL36-07 421.6 424.2 0.98 9800 0.06 0.1 16 5 0.01 185 0.01 5 0.01 9.3 110 0.01
KL36-07 424.2 427.3 0.71 7100 0.05 0.1 26 17 1 161 0.01 5 0.01 8.3 90 0.01
KL36-07 427.3 431.2 0.529 5290 0.09 0.9 38 26 3 398 1 10 0.4 11.3 128 0.01
KL36-07 431.2 434.3 0.64 6400 0.17 1.1 43 16 2 156 0.01 6 0.01 7.3 43 0.01
KL36-07 434.3 437.6 0.521 5210 0.16 1.3 130 30 23 122 2 10 0.6 12.0 45 0.01
KL36-07 437.6 440.2 0.365 3650 0.13 1.5 157 34 57 50 1 7 2.8 11.3 65 0.01
KL36-07 440.2 442.4 0.526 5260 0.14 1.5 278 64 45 39 2 4 5.2 7.7 57 0.01



Appendix V - 295 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-07 442.4 445.9 0.302 3020 0.09 0.8 1180 55 62 96 1 6 13.4 7.5 69 0.01
KL36-07 445.9 448.5 0.351 3510 0.12 0.9 134 25 52 610 3 5 5.8 8.0 103 0.01
KL36-07 448.5 451.7 0.047 470 0.09 0.1 405 28 25 275 1 10 2.8 9.8 104 0.01
KL36-07 451.7 455 0.025 250 0.09 0.1 450 357 6 220 1 18 1.3 10.2 116 0.01
KL36-07 455 458 0.31 3100 0.11 1.1 139 34 280 199 1 4 5.2 8.8 110 0.01
KL36-07 458 460.9 0.0304 304 0.08 0.1 490 440 7 284 1 6 0.5 7.3 143 0.01
KL36-07 460.9 464 0.0399 399 0.1 0.1 250 30 8 260 2 26 1.2 8.0 118 0.01
KL36-07 464 467.1 0.019 190 0.05 0.1 53 6 6 240 1 9 0.5 5.9 145 0.01
KL36-07 467.1 470.5 0.0116 116 0.03 0.1 25 7 7 135 0.01 4 0.3 1.8 124 0.01
KL36-07 470.5 474.6 0.0103 103 0.02 0.1 12 6 3 89 0.01 2 0.01 1.2 182 0.01
KL36-08 0 2.6 0.0059 59 0.05 1.4 470 287 11 13 3 1 1.3 1.9 15 0.01
KL36-08 2.6 4.6 0.0031 31 0.04 0.5 440 122 3 6 0.01 1 1.1 2.1 16 0.01
KL36-08 4.6 7.4 0.0016 16 0.03 0.7 580 231 4 2 0.01 1 1.5 2.7 16 0.01
KL36-08 7.4 9.7 0.0017 17 0.02 0.9 590 277 3 1 0.01 1 1.6 1.9 17 0.01
KL36-08 9.7 12.4 0.0018 18 0.03 1.1 550 271 4 8 2 1 1.4 1.7 15 0.01
KL36-08 12.4 15.1 0.0012 12 0.11 1.2 980 358 17 4 0.01 1 2.5 3.2 20 0.01
KL36-08 15.1 18 0.0056 56 0.03 0.1 290 98 7 5 0.01 1 0.9 1.7 15 0.01
KL36-08 18 20.6 0.0051 51 0.03 0.1 143 59 7 3 0.01 1 1.7 1.6 17 0.01
KL36-08 20.6 23.6 0.001 10 0.02 0.1 276 102 12 3 0.01 1 0.6 2.4 15 0.01
KL36-08 23.6 26.6 0.0133 133 0.04 0.7 440 175 11 5 0.01 1 1.1 1.9 23 0.01
KL36-08 26.6 29.7 0.0028 28 0.1 1 630 249 13 2 0.01 1 2.1 1.9 68 0.1
KL36-08 29.7 32.6 0.0042 42 0.11 1.4 1690 580 19 24 0.01 1 7.1 2.3 20 0.1
KL36-08 32.6 35.6 0.0045 45 0.01 0.9 244 150 6 6 0.01 1 1.7 1.2 19 0.01
KL36-08 35.6 38.6 0.0031 31 0.01 1.2 409 340 14 3 0.01 1 3.1 1.3 29 0.01
KL36-08 38.6 41.6 0.018 180 0.09 7.4 4900 4300 77 3 0.01 1 25 1.8 36 0.1
KL36-08 41.6 44.6 0.0072 72 0.21 7.3 3000 2400 51 4 1 1 9.2 3.2 24 0.11
KL36-08 44.6 47.6 0.048 480 0.13 1.2 580 329 9 7 0.01 2 3.4 2.9 49 0.01
KL36-08 47.6 50.6 0.0071 71 0.03 1.4 750 334 7 2 1 1 1.2 1.7 25 0.01
KL36-08 50.6 53.6 0.0135 135 0.08 1.3 450 234 10 9 0.01 1 1.7 2.4 30 0.01
KL36-08 53.6 56.6 0.0044 44 0.01 1.4 142 122 8 3 5 1 0.8 2.1 22 0.01
KL36-08 56.6 59.6 0.0012 12 0.01 0.6 107 53 9 3 0.01 1 0.6 1.7 29 0.01
KL36-08 59.6 62.6 0.0072 72 0.01 0.7 120 70 14 5 0.01 2 0.6 1.5 23 0.01
KL36-08 62.6 65.6 0.0026 26 0.04 2.9 181 407 12 7 7 1 1 2.6 19 0.01
KL36-08 65.6 66.8 0.0047 47 0.23 0.8 490 207 14 3 0.01 1 2 3.0 18 0.01
KL36-08 66.8 69.8 0.058 580 0.05 1.5 470 221 20 17 3 2 7.8 3.5 41 0.01
KL36-08 69.8 71.6 0.0296 296 0.03 0.9 440 173 14 9 13 2 1.9 3.2 31 0.01
KL36-08 71.6 74.6 0.0202 202 0.05 2.5 710 1200 25 6 0.01 2 4.2 4.8 25 0.01
KL36-08 74.6 77.1 0.0034 34 0.03 3.1 1680 3300 20 3 0.01 1 7.1 6.0 25 0.19
KL36-08 77.1 79 0.0023 23 0.01 1.7 1390 1450 42 3 0.01 1 3.5 8.3 30 0.01
KL36-08 79 80.6 0.0025 25 0.01 1 228 700 26 5 1 1 1.3 7.3 28 0.01
KL36-08 80.6 83.6 0.003 30 0.01 0.5 105 251 17 4 0.01 2 1.1 1.7 22 0.01
KL36-08 83.6 86.6 0.0024 24 0.01 0.5 122 381 18 2 0.01 2 1.3 2.2 26 0.01
KL36-08 86.6 89.6 0.0189 189 0.08 1.9 570 201 60 4 1 2 9.8 4.2 30 0.12
KL36-08 89.6 91.9 0.0051 51 0.04 0.1 172 120 17 4 2 1 2.3 4.4 21 0.01
KL36-08 91.9 95 0.0233 233 0.04 0.5 152 92 17 8 1 2 1 4.5 20 0.01
KL36-08 95 98 0.0023 23 0.03 0.1 92 84 18 3 0.01 1 0.8 1.2 27 0.01
KL36-08 98 101.1 0.0012 12 0.02 0.1 99 192 20 1 0.01 2 0.8 1.5 33 0.01
KL36-08 101.1 104.1 0.0105 105 0.01 0.1 89 88 9 2 0.01 1 0.6 1.8 20 0.01
KL36-08 104.1 107.2 0.0015 15 0.03 0.1 222 156 4 2 1 1 0.6 2.0 16 0.01
KL36-08 107.2 110.3 0.0022 22 0.01 0.5 221 163 5 9 3 1 0.9 2.6 19 0.01
KL36-08 110.3 112.9 0.0034 34 0.01 1.1 420 177 10 71 8 1 1.5 2.5 22 0.01
KL36-08 112.9 115.7 0.0037 37 0.02 1.3 298 275 26 126 49 2 2 3.4 38 0.01
KL36-08 115.7 117.9 0.0073 73 0.6 2.9 18200 1870 250 23 6 1 26 12.2 29 0.78
KL36-08 117.9 119.6 0.0345 345 0.05 5.6 1270 850 67 44 17 1 15.7 5.7 30 0.11
KL36-08 119.6 122.6 0.0109 109 0.16 2.7 6600 1400 57 4 5 1 16.5 12.8 33 0.54
KL36-08 122.6 125.1 0.0116 116 0.09 2 5300 1900 56 3 6 1 9.5 13.6 40 0.11
KL36-08 125.1 127.1 0.0191 191 0.13 1.4 670 239 35 5 4 4 4.5 2.2 34 0.01
KL36-08 127.1 128.6 0.078 780 0.34 2.2 157 132 33 126 36 7 7.8 12.5 64 0.01
KL36-08 128.6 131.6 0.028 280 0.06 0.9 219 150 28 34 7 1 6.9 4.2 112 0.01
KL36-08 131.6 134.6 0.06 600 0.1 1.3 237 205 21 33 6 4 4.8 0.7 75 0.01
KL36-08 134.6 137.1 0.096 960 0.05 1.9 520 278 25 27 2 2 14.9 4.1 64 0.01
KL36-08 137.1 139.7 4.85 48500 1.08 170 19900 8500 7500 4 14 12 1730 45.0 167 4.45
KL36-08 139.7 141.5 1.92 19200 0.34 25.8 750 229 3300 73 6 3 700 14.0 206 0.87



Appendix V - 296 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-08 141.5 143.6 0.69 6900 0.28 24.7 1380 530 420 64 6 7 62 8.0 340 0.2
KL36-08 143.6 145.9 0.32 3200 2.06 51 8600 14500 630 219 6 7 50 22.9 380 0.62
KL36-08 145.9 147.6 0.19 1900 0.51 21.4 5200 3900 150 72 16 8 11.8 10.5 266 0.32
KL36-08 147.6 149.6 0.168 1680 0.22 8.6 2700 1400 50 79 5 14 5.3 9.4 178 0.14
KL36-08 149.6 151.8 0.58 5800 0.34 22 2200 2100 120 34 8 10 3.2 10.5 48 0.19
KL36-08 151.8 153.7 0.37 3700 0.28 11.3 1630 2100 83 33 4 5 4.3 6.8 44 0.16
KL36-08 153.7 155.6 0.145 1450 0.22 5.8 1050 1630 30 29 4 1 3.4 4.5 42 0.1
KL36-08 155.6 159.4 0.101 1010 0.34 7.2 3500 1430 47 96 4 2 4.1 5.5 375 0.18
KL36-08 159.4 161.2 0.24 2400 2.12 56 17100 23600 510 343 16 2 50 13.0 64 1.24
KL36-08 161.2 164.3 0.189 1890 2.88 62 28900 16200 410 2040 46 4 50 14.7 57 1.75
KL36-08 164.3 166.7 0.0261 261 0.45 8.1 6400 6200 120 480 4 4 13.5 10.0 103 0.34
KL36-08 166.7 169.9 0.14 1400 0.12 3.4 450 820 100 190 1 3 8.8 3.8 104 0.01
KL36-08 169.9 171.8 0.52 5200 0.28 7.6 1450 1400 110 55 10 12 7.4 7.3 30 0.11
KL36-08 171.8 173.6 2.92 29200 2.42 29.8 19200 4300 460 570 710 78 60 55.0 141 0.54
KL36-08 173.6 176.6 0.102 1020 0.18 10.9 10500 7300 100 109 19 3 32 18.1 26 0.88
KL36-08 176.6 179.6 0.056 560 0.5 11.8 4200 3800 79 215 44 4 6.5 14.8 24 0.24
KL36-08 179.6 182.4 0.0318 318 0.2 9.7 2100 1130 40 270 72 1 2.5 12.7 25 0.11
KL36-08 182.4 185 0.0139 139 0.04 6.5 1470 630 14 128 34 1 1.5 4.3 16 0.1
KL36-08 185 187 0.0279 279 0.15 13.8 930 1480 20 151 52 1 2.6 7.8 26 0.01
KL36-08 187 188.6 0.0369 369 0.03 13.5 1920 2130 23 25 41 1 4 13.8 21 0.01
KL36-08 188.6 191.6 0.0332 332 0.04 9.7 3400 4000 20 40 22 1 2 6.4 26 0.01
KL36-08 191.6 194.6 0.0203 203 0.07 21.8 4200 9000 29 78 42 2 5.6 11.3 25 0.12
KL36-08 194.6 197.6 0.0233 233 0.12 54 383 7900 53 104 102 3 5.2 16.4 37 0.01
KL36-08 197.6 200.5 0.0252 252 0.09 21 498 2940 37 64 45 1 3.8 9.2 33 0.01
KL36-08 200.5 203.1 0.0082 82 0.04 5.7 312 1410 11 14 10 1 2.2 4.3 23 0.01
KL36-08 203.1 204.9 0.0058 58 0.03 3.8 216 750 4 25 8 1 1.1 3.0 24 0.01
KL36-08 204.9 207 0.0112 112 0.04 3 420 580 13 68 10 1 0.7 3.7 20 0.01
KL36-08 207 212.2 0.045 450 0.09 9.8 3830 1200 44 21 39 4 3.6 12.2 21 0.01
KL36-08 212.2 215.3 0.0169 169 0.04 1.9 750 600 12 10 5 1 1.4 4.9 24 0.01
KL36-08 215.3 218.4 0.0183 183 0.03 5.1 800 810 10 29 19 1 1.1 4.8 21 0.01
KL36-08 218.4 221 0.0127 127 0.04 2.6 1150 520 10 12 9 1 1.2 7.1 18 0.01
KL36-08 221 223.8 0.006 60 0.01 1.4 1320 600 4 10 6 1 2.2 3.6 8 0.01
KL36-08 223.8 225 0.0096 96 0.03 0.7 470 520 4 17 4 1 1.3 2.4 9 0.01
KL36-08 225 227.3 0.0052 52 0.02 0.7 460 670 9 30 3 1 2.6 3.1 11 0.01
KL36-08 227.3 229.1 0.0032 32 0.01 1.7 460 440 13 17 15 1 3.9 6.2 6 0.01
KL36-08 229.1 230.6 0.0144 144 0.01 24 1020 2230 42 46 130 2 7.2 16.8 11 0.01
KL36-08 230.6 233.6 0.0312 312 0.05 0.6 173 94 18 11 6 5 1.7 4.5 11 0.01
KL36-08 233.6 235.8 0.009 90 0.06 0.1 86 113 4 7 2 1 0.4 2.4 12 0.01
KL36-08 235.8 237 0.07 700 0.05 0.7 227 108 31 5 3 2 5.8 3.8 14 0.01
KL36-08 237 239.6 0.0224 224 0.02 1 590 1070 20 3 3 1 3.4 2.3 8 0.01
KL36-08 239.6 242.2 0.0144 144 0.01 2.1 1000 2060 13 7 3 1 5.8 4.4 11 0.01
KL36-08 242.2 244.8 0.0294 294 0.02 1 264 234 9 8 3 1 3.1 3.6 8 0.01
KL36-08 244.8 247.4 0.109 1090 0.09 1.3 530 22 18 3 5 7 5 1.7 13 0.01
KL36-08 247.4 248.6 0.0083 83 0.01 0.6 211 139 5 15 3 1 0.8 2.9 10 0.01
KL36-08 248.6 251 0.0295 295 0.02 1.6 3390 900 11 16 5 1 2.3 1.6 13 0.01
KL36-08 251 254 0.0257 257 0.03 0.7 680 430 20 9 2 1 3.1 4.8 12 0.01
KL36-08 254 257 0.0108 108 0.03 0.8 950 274 40 4 4 1 4 3.7 7 0.01
KL36-08 257 258.8 0.0263 263 0.24 6.5 5340 2950 50 15 16 2 9.2 11.6 20 0.13
KL36-08 258.8 260.6 0.27 2700 0.13 5.4 1000 430 200 13 7 6 26 4.4 19 0.01
KL36-08 260.6 263.6 0.0081 81 0.01 1 500 297 11 6 5 1 5.1 3.6 14 0.01
KL36-08 263.6 266.6 0.0189 189 0.02 2.4 6160 1460 120 6 2 1 12.9 10.7 15 0.01
KL36-08 266.6 269.6 0.0101 101 0.01 0.1 175 140 21 4 2 1 4.9 2.5 10 0.01
KL36-08 269.6 272.6 0.0089 89 0.01 0.1 480 247 16 9 1 2 4.8 3.7 15 0.01
KL36-08 272.6 275.6 0.049 490 0.05 0.5 810 100 21 6 2 4 5.6 3.2 18 0.01
KL36-08 275.6 278.6 0.0226 226 0.03 0.8 700 308 9 5 1 1 1.8 4.2 8 0.01
KL36-08 278.6 281.6 0.0334 334 0.06 0.8 436 101 60 3 1 2 10.6 2.9 15 0.01
KL36-08 281.6 284.4 0.079 790 0.1 0.7 790 71 52 7 3 7 11.8 5.3 19 0.01
KL36-08 284.4 287.5 0.139 1390 0.04 0.9 610 129 63 14 5 5 17.6 7.4 18 0.01
KL36-08 287.5 290.6 0.098 980 0.03 0.6 450 58 62 10 4 5 6 6.2 16 0.01
KL36-08 290.6 292.3 0.188 1880 0.05 1.2 257 24 22 4 5 18 3.2 1.8 18 0.01
KL36-08 292.3 293.6 0.78 7800 0.5 2.4 235 52 58 33 14 25 10.2 3.7 21 0.01
KL36-08 293.6 295.1 1.1 11000 0.62 2.3 205 74 7 16 10 19 5.3 9.0 34 0.01
KL36-08 295.1 297.2 3.35 33500 1.92 8.8 255 41 10 133 7 28 2.7 9.5 17 0.01



Appendix V - 297 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL36-08 297.2 299.6 0.94 9400 0.67 7.7 1850 118 37 130 4 13 1.6 10.2 30 0.01
KL36-08 299.6 302.6 1.58 15800 2.04 13.2 830 132 24 180 22 23 2.3 18.8 70 0.01
KL36-08 302.6 305.6 0.25 2500 0.53 2.7 97 31 21 391 8 8 4.5 4.5 114 0.01
KL36-08 305.6 308.6 0.167 1670 0.06 0.1 83 18 7 262 1 9 1.6 2.0 33 0.01
KL36-08 308.6 310.5 0.29 2900 0.12 1.1 373 36 12 230 2 16 2.3 5.0 21 0.01
KL36-08 310.5 311.6 0.52 5200 0.34 1.2 13100 28 10 46 2 41 2.3 5.7 20 0.01
KL36-08 311.6 314.6 0.162 1620 0.11 7.2 1590 590 240 4 14 2 3.2 1.5 17 0.16
KL36-08 314.6 317.6 0.308 3080 0.17 0.9 227 61 12 192 1 10 6.4 4.5 15 0.01
KL36-08 317.6 320.6 0.206 2060 0.2 0.5 183 39 17 201 1 11 2.2 4.0 17 0.01
KL36-08 320.6 323.6 0.146 1460 0.12 0.1 220 25 13 84 0.01 10 1.3 2.0 27 0.01
KL36-08 323.6 326.6 0.469 4690 0.79 18.4 4960 3000 320 11 34 8 10 1.8 21 0.18
KL36-08 326.6 329.6 0.67 6700 0.52 1.5 285 42 38 12 3 15 3 7.8 25 0.01
KL36-08 329.6 332.6 0.352 3520 0.25 0.7 173 31 12 65 2 10 2.5 4.5 19 0.01
KL36-08 332.6 335.6 0.21 2100 0.12 0.6 90 33 7 77 0.01 4 1.5 3.5 12 0.01
KL36-08 335.6 338.6 0.84 8400 0.38 1.3 223 32 16 106 0.01 18 4.6 7.0 20 0.01
KL36-08 338.6 341.6 2.68 26800 1.01 3.4 363 17 18 70 1 33 2.8 10.0 24 0.01
KL36-08 341.6 344.6 0.0117 117 0.01 0.1 70 56 12 3 0.01 8 0.2 0.0 51 0.01
KL36-08 344.6 347.4 0.109 1090 0.07 0.8 244 43 47 6 6 6 1.2 1.3 20 0.01
KL36-08 347.4 350.5 0.21 2100 0.14 0.9 810 30 25 5 6 6 1.4 4.0 23 0.01
KL36-08 350.5 353.6 0.512 5120 0.38 2.5 610 18 63 4 4 21 1.7 8.3 21 0.01
KL36-08 353.6 356.6 0.151 1510 0.11 0.7 990 14 23 20 6 6 2.2 4.3 30 0.01
KL36-08 356.6 359.6 0.08 800 0.03 0.1 1290 12 17 4 5 3 1.2 1.3 16 0.01
KL36-08 359.6 362.6 0.055 550 0.04 0.1 700 12 16 3 6 3 0.9 0.6 14 0.01
KL36-08 362.6 364.3 0.22 2200 0.07 2.1 396 15 23 7 10 26 1.9 1.5 21 0.01
KL36-08 364.3 367.3 1.04 10400 0.16 5.7 1590 15 32 6 9 63 4.8 3.8 23 0.01
KL36-08 367.3 369.7 1.02 10200 0.39 3.7 409 178 28 2 7 34 8.5 4.5 37 0.01
KL36-08 369.7 371.6 2.08 20800 0.77 2.2 283 16 10 4 2 37 6.8 7.3 50 0.01
KL36-08 371.6 374.6 0.073 730 0.84 37 4970 3190 870 3 140 6 21.5 3.8 60 0.2
KL36-08 374.6 377.6 1.76 17600 1.45 4.4 281 41 8 25 7 40 1.4 14.8 43 0.01
KL36-08 377.6 380.1 1.64 16400 1.32 3.6 500 104 12 17 5 41 1.4 11.0 53 0.01
KL36-08 380.1 382.1 1.14 11400 0.79 4 630 145 11 53 2 13 0.8 6.5 107 0.01
KL36-08 382.1 383.6 0.9 9000 0.39 40 470 3000 36 6 55 7 4.1 5.5 72 0.01
KL36-08 383.6 386.6 0.83 8300 0.74 1.8 179 17 4 10 1 12 0.6 8.8 86 0.01
KL36-08 386.6 389.6 0.56 5600 0.4 1.9 160 31 4 19 1 11 0.5 6.0 123 0.01
KL36-08 389.6 392.6 0.68 6800 0.34 1.7 142 18 2 42 1 8 0.4 6.5 95 0.01
KL36-08 392.6 394.8 0.74 7400 0.37 2 112 13 2 35 1 10 0.3 5.9 120 0.01
KL36-08 394.8 400 0.23 2300 0.18 0.6 65 9 2 13 0.01 6 0.4 3.3 74 0.01
KL38-02 0 5 0.0035 35 0.2 0.1 211 66 25 4 0.01 1 1 1.2 19 0.01
KL38-02 5 8.7 0.0052 52 0.06 0.1 237 46 11 7 0.01 1 0.6 1.2 16 0.01
KL38-02 8.7 11.7 0.0036 36 0.02 0.8 93 31 8 4 0.01 1 0.6 2.8 19 0.01
KL38-02 11.7 14.7 0.009 90 0.05 0.7 99 28 8 3 0.01 1 1.4 2.2 18 0.01
KL38-02 14.7 18.4 0.0019 19 0.03 0.1 113 30 7 1 0.01 1 0.6 2.0 18 0.01
KL38-02 18.4 21.3 0.0061 61 0.14 1.2 560 234 8 10 0.01 1 1.7 4.5 21 0.01
KL38-02 21.3 25 0.0022 22 0.15 0.6 84 36 7 3 0.01 1 0.4 1.8 51 0.01
KL38-02 25 27.3 0.0034 34 0.36 0.9 322 78 9 1 0.01 1 0.9 1.8 25 0.01
KL38-02 27.3 29.4 0.0031 31 0.26 0.7 124 31 12 3 0.01 1 0.8 3.5 30 0.01
KL38-02 29.4 32.3 0.0141 141 0.26 3.1 2140 1130 40 10 3 1 9.9 14.7 41 0.21
KL38-02 32.3 34.7 0.0027 27 0.14 0.1 73 31 7 3 0.01 1 0.9 2.0 36 0.01
KL38-02 34.7 37.8 0.0018 18 0.12 0.1 101 56 13 6 0.01 1 0.9 2.5 37 0.01
KL38-02 37.8 41.7 0.002 20 0.02 0.1 57 30 5 1 0.01 1 0.4 0.0 44 0.01
KL38-02 41.7 45.8 0.0015 15 0.05 0.1 148 60 5 4 0.01 1 0.6 0.8 40 0.01
KL38-02 45.8 48.8 0.0027 27 0.04 0.1 139 46 10 5 0.01 1 1.2 0.9 24 0.01
KL38-02 48.8 50.6 0.0016 16 0.07 0.7 276 118 15 4 0.01 1 1.8 2.2 40 0.01
KL38-02 50.6 53.7 0.0033 33 0.03 1 246 334 37 5 0.01 1 4 1.3 25 0.01
KL38-02 53.7 55.9 0.0094 94 0.11 9.6 1260 1200 67 6 1 2 7.2 9.3 46 0.16
KL38-02 55.9 59 0.0101 101 0.08 1 91 171 48 2 0.01 1 3.5 1.0 38 0.01
KL38-02 59 62.8 0.0057 57 0.03 0.8 169 184 18 3 0.01 1 2.4 1.5 23 0.01
KL38-02 62.8 65.7 0.0036 36 0.05 1.6 660 320 7 1 0.01 1 2.7 2.8 17 0.01
KL38-02 65.7 68.7 0.0013 13 0.08 1.1 408 132 15 1 0.01 1 3.7 3.8 17 0.01
KL38-02 68.7 71.5 0.0129 129 0.08 1 173 100 9 5 0.01 1 2.1 2.2 16 0.01
KL38-02 71.5 74.6 0.0063 63 0.19 1.5 261 341 43 1 0.01 2 5.4 1.5 46 0.12
KL38-02 74.6 77.7 0.0058 58 0.15 1.7 347 310 41 6 1 1 6 3.0 32 0.1
KL38-02 77.7 80.7 0.0075 75 0.13 2.4 1430 800 40 7 1 1 5.5 6.0 40 0.14



Appendix V - 298 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL38-02 80.7 83.7 0.0113 113 0.2 4.6 920 1280 67 9 7 3 16.7 10.5 54 0.25
KL38-02 83.7 86.7 0.0042 42 0.03 1.2 253 570 19 7 2 1 2.3 1.8 39 0.01
KL38-02 86.7 89.7 0.0099 99 0.32 3 1160 1030 53 5 3 1 14.4 9.8 50 0.28
KL38-02 89.7 92.7 0.0048 48 0.15 2.6 790 1090 31 5 3 1 5.3 5.1 28 0.01
KL38-02 92.7 95.7 0.0059 59 0.68 2.2 990 378 210 7 1 1 12 7.0 59 0.37
KL38-02 95.7 98.7 0.0029 29 0.38 2.1 780 381 70 11 1 1 9.7 6.0 72 0.23
KL38-02 98.7 101.7 0.0039 39 0.33 2.8 1130 580 85 7 3 4 5.4 4.8 70 0.16
KL38-02 101.7 104.9 0.0028 28 0.16 2 1430 680 45 6 2 2 2.5 2.9 141 0.01
KL38-02 104.9 107 0.0132 132 0.56 17.7 8500 7300 47 18 6 7 18.6 11.3 70 0.37
KL38-02 107 109.5 0.115 1150 2 127 56800 59500 160 25 42 2 100 60.5 51 4.15
KL38-02 109.5 113.5 0.332 3320 0.72 19.5 2300 1190 120 26 52 3 19 13.0 207 0.32
KL38-02 113.5 116.7 0.25 2500 1.2 101 11300 7000 330 209 550 3 40 27.0 178 1.5
KL38-02 116.7 119.7 0.076 760 1.2 62 11800 12800 240 145 160 3 9.6 43.0 257 2.12
KL38-02 119.7 122.7 0.055 550 0.27 7.6 1800 2100 100 45 203 3 7.5 8.0 214 0.34
KL38-02 122.7 124.6 0.191 1910 0.59 53 2900 3290 390 14 176 3 9.6 39.5 273 1.06
KL38-02 124.6 127.9 0.0099 99 0.76 11.3 13700 6400 44 16 2 3 2.8 15.0 187 0.51
KL38-02 127.9 130.4 0.0057 57 0.1 2 810 354 22 40 1 1 1.2 4.6 217 0.01
KL38-02 130.4 133.5 0.0029 29 0.44 6.1 3600 1210 32 33 0.01 4 2.4 4.4 184 0.52
KL38-02 133.5 135.7 0.008 80 0.75 5.9 1120 430 210 540 3 3 5.4 1.5 149 0.13
KL38-02 135.7 137.7 0.0033 33 0.48 2.7 1350 530 66 530 1 2 3.9 6.1 208 0.11
KL38-02 137.7 142.2 0.0236 236 0.96 4.5 4700 1880 200 2000 3 2 23 11.5 145 0.56
KL38-02 142.2 146.2 0.0108 108 0.61 1.8 1030 530 33 1125 1 1 4.2 4.0 57 0.13
KL38-02 146.2 149.7 0.083 830 1.59 8.5 17600 10800 540 1075 2 2 34 11.0 80 1.55
KL38-02 149.7 155.7 0.196 1960 2.19 21.4 34900 12800 990 590 22 3 119 21.0 66 3.64
KL38-02 155.7 159.9 0.097 970 1.44 11.4 22900 2100 370 564 17 6 137 25.0 38 1.52
KL38-02 159.9 162.9 0.0092 92 0.27 3.5 2360 530 27 82 2 1 11 6.5 24 0.28
KL38-02 162.9 164.7 0.0192 192 1.43 16 6400 3030 88 28 8 4 22 15.5 27 0.8
KL38-02 164.7 168.4 0.0146 146 0.65 10.3 4700 2470 68 25 5 3 45 11.8 26 0.72
KL38-02 168.4 172 0.008 80 0.96 6.4 3500 2190 85 14 4 3 25 11.5 24 0.63
KL38-02 172 173.7 0.0159 159 1.24 1.4 2480 120 320 550 22 1 14.2 7.0 24 0.39
KL38-02 173.7 176.7 0.168 1680 2.12 13.1 8700 1060 470 359 34 7 37 23.8 21 0.31
KL38-02 176.7 179.7 0.0229 229 0.92 4.4 8700 1020 160 49 6 7 10.7 12.0 32 0.48
KL38-02 179.7 182.7 0.081 810 4.5 44 29800 24200 1180 150 112 4 85 180.0 25 0.13
KL38-02 182.7 185.7 0.39 3900 4.31 200 106000 61500 1160 175 98 3 323 260.0 55 0.6
KL38-02 185.7 190.7 0.25 2500 3.19 118 49300 43100 1190 278 63 6 293 150.0 70 0.83
KL38-02 190.7 194.4 0.31 3100 3.94 123 65800 48300 1270 300 82 6 248 238.0 85 2.14
KL38-02 194.4 197.5 0.112 1120 1.2 45 27600 19100 300 260 27 3 55 81.0 47 0.72
KL38-02 197.5 200 0.26 2600 2.4 69 12800 6500 640 2120 143 15 73 95.0 73 0.36
KL38-02 200 203.2 0.0201 201 0.46 10.8 3500 2150 120 154 20 2 13 27.5 28 0.16
KL38-02 203.2 206.8 0.112 1120 1.55 49 12000 6800 310 229 30 7 43 74.0 47 0.39
KL38-02 206.8 212.8 0.025 250 0.63 18.1 7100 5300 130 59 15 3 26 33.5 26 0.16
KL38-02 212.8 216 0.0047 47 0.22 3.5 510 283 39 20 1 1 6.1 6.0 22 0.01
KL38-02 216 218.8 0.0082 82 0.24 2.3 1600 620 34 14 3 1 9.9 6.8 15 0.1
KL38-02 218.8 221.8 0.0038 38 0.51 1.1 176 43 180 6 0.01 1 3.2 9.0 13 0.12
KL38-02 221.8 224.3 0.0032 32 0.09 0.6 69 35 15 4 1 1 0.8 2.4 11 0.01
KL38-02 224.3 228 0.0046 46 0.11 0.9 298 284 17 2 0.01 1 1.4 9.8 7 0.1
KL38-02 228 230.6 0.0018 18 0.43 0.7 92 27 7 1 2 1 0.8 1.8 8 0.01
KL38-02 230.6 233.8 0.0027 27 0.65 2.3 188 59 38 7 0.01 1 7.3 5.0 13 0.52
KL38-02 233.8 237.1 0.0053 53 0.07 9.5 2700 1670 71 2 0.01 1 8.8 8.2 11 0.21
KL38-02 237.1 242.8 0.0074 74 0.19 3.2 1070 1410 24 8 4 1 3.4 11.1 19 0.01
KL38-03 0 4 0.043 430 1 16.9 13400 12100 110 4 0.01 7 6.2 8.0 24 0.96
KL38-03 4 7 0.0083 83 0.05 0.1 250 158 13 3 0.01 3 0.4 1.6 21 0.01
KL38-03 7 10 0.0067 67 0.02 0.1 203 69 10 38 0.01 1 0.8 4.3 22 0.01
KL38-03 10 13 0.0048 48 0.11 0.1 236 78 11 1 0.01 2 0.4 1.2 24 0.01
KL38-03 13 16 0.0029 29 0.06 0.7 146 70 14 8 0.01 3 0.5 1.1 20 0.01
KL38-03 16 19 0.0064 64 0.01 0.6 81 84 20 4 0.01 2 2.4 0.6 15 0.01
KL38-03 19 22 0.0031 31 0.08 1 350 237 16 4 0.01 3 1.3 1.7 32 0.01
KL38-03 22 25 0.15 1500 0.4 5.4 8100 2200 510 15 3 2 7.3 3.8 55 0.35
KL38-03 25 29 0.104 1040 0.24 2.7 1230 550 350 10 2 4 12.8 2.3 32 0.01
KL38-03 29 33.4 0.0164 164 0.14 0.1 610 106 17 3 0.01 3 1.3 2.0 16 0.01
KL38-03 33.4 37 0.0023 23 0.04 0.8 590 216 15 2 0.01 1 2 1.0 21 0.01
KL38-03 37 40 0.0019 19 0.03 0.7 510 194 12 3 0.01 2 1 1.4 24 0.01
KL38-03 40 43 0.0026 26 0.04 0.1 1180 252 3 3 0.01 1 2.3 1.0 17 0.01



Appendix V - 299 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL38-03 43 46 0.0018 18 0.04 0.6 620 150 12 1 0.01 1 1.7 1.0 18 0.01
KL38-03 46 48.8 0.0038 38 0.01 1.2 310 260 42 6 0.01 1 1.4 0.8 24 0.01
KL38-03 48.8 52 0.0107 107 0.04 0.1 402 84 12 2 0.01 1 1 1.8 17 0.01
KL38-03 52 55 0.0064 64 0.01 0.1 92 29 5 7 0.01 1 0.5 1.3 24 0.01
KL38-03 55 58 0.0023 23 0.02 0.1 318 62 10 1 0.01 1 1.3 1.2 22 0.01
KL38-03 58 61 0.037 370 0.22 11.6 3600 3200 120 4 0.01 1 24 9.0 32 0.53
KL38-03 61 64 0.04 400 0.13 0.9 153 152 47 5 2 3 2.7 3.5 27 0.01
KL38-03 64 67 0.015 150 0.13 4.3 1930 1360 62 13 7 4 9.5 4.3 29 0.18
KL38-03 67 70 0.0147 147 0.78 7.1 9600 6800 230 8 3 1 28 17.5 22 1.14
KL38-03 70 73 0.0165 165 0.27 1.4 1910 540 51 4 2 3 4.6 3.1 45 0.01
KL38-03 73 75.2 0.0046 46 0.08 0.7 510 167 28 3 1 1 2.9 3.3 35 0.01
KL38-03 75.2 79 0.056 560 0.41 1.7 1740 1280 160 23 9 3 22 12.0 70 0.46
KL38-03 79 82 0.076 760 0.79 6.2 4300 1420 260 54 82 7 12.8 16.3 84 0.01
KL38-03 82 85 0.054 540 0.24 3.6 1320 640 210 138 32 6 5.6 24.3 92 0.12
KL38-03 85 88.3 0.18 1800 0.33 48 2400 4800 200 91 307 14 12.4 61.0 70 0.1
KL38-03 88.3 91 0.38 3800 1.12 18.1 13800 4900 1260 1510 180 14 98 28.5 197 1.84
KL38-03 91 94 0.0257 257 2.32 4 11800 3400 430 1890 10 2 15.3 18.0 168 1.06
KL38-03 94 97 0.0286 286 0.39 3.7 3000 1040 64 903 21 3 6.8 8.8 64 0.1
KL38-03 97 100 0.0244 244 0.31 0.7 2400 620 60 81 1 4 2.9 4.1 305 0.1
KL38-03 100 103 0.052 520 1.42 1.4 10800 2400 340 971 2 5 12.3 7.0 65 0.46
KL38-03 103 105.7 0.0304 304 1.52 1.7 17700 4000 280 590 2 2 15.8 6.0 54 0.66
KL38-03 105.7 108.8 0.044 440 0.68 0.8 6200 1430 210 580 2 3 9 6.0 204 0.32
KL38-03 108.8 112 0.0336 336 2.24 2.1 8500 3000 300 2080 5 2 12 9.3 68 0.65
KL38-03 112 114.4 0.0091 91 1.72 2.8 10000 2300 460 2340 9 5 14 13.0 183 0.58
KL38-03 114.4 116 0.082 820 1.6 3.4 12500 1890 520 4440 26 10 18 26.0 100 0.66
KL38-03 116 118 0.0163 163 0.2 1.1 1480 160 53 165 4 2 1.9 4.2 29 0.1
KL38-03 118 121 0.0302 302 0.32 2 1960 840 51 84 7 1 3.4 10.0 21 0.12
KL38-03 121 123.4 0.052 520 0.68 23.2 44700 34600 69 71 28 4 18 120.0 34 0.76
KL38-03 123.4 126.7 0.0039 39 0.11 0.8 1020 600 25 24 1 1 1.6 2.5 21 0.01
KL38-03 126.7 129.9 0.0045 45 0.13 1 1010 520 22 24 2 1 2.5 2.8 27 0.01
KL38-03 129.9 132.8 0.0076 76 0.14 1.4 1960 750 35 22 3 1 3.8 3.3 26 0.1
KL38-03 132.8 136.1 0.0058 58 0.05 0.1 406 118 16 28 2 1 4.3 8.3 23 0.01
KL38-03 136.1 139 0.0261 261 0.2 0.7 1270 228 49 63 5 1 2 4.5 29 0.1
KL38-03 139 141.6 0.0167 167 0.12 0.8 1130 202 55 99 3 1 2.5 3.8 27 0.01
KL38-03 141.6 145 0.0305 305 0.26 1.4 1420 312 130 540 16 5 6.2 11.5 66 0.01
KL38-03 145 149 0.0289 289 1.17 3.2 1160 430 180 1840 57 10 5.2 39.0 15 0.56
KL38-03 149 152 0.0358 358 1.39 22.8 10500 6100 200 138 36 6 13.6 24.5 29 0.62
KL38-03 152 156.9 0.0357 357 0.37 5.6 6200 1410 72 84 20 3 2.5 11.8 20 0.14
KL38-03 156.9 159.5 1.1 11000 2.76 26.4 48200 1760 1720 6300 300 112 10.6 28.5 182 1.22
KL38-03 159.5 163 0.091 910 0.52 8.4 7600 1300 410 136 130 3 5.9 7.5 32 0.65
KL38-03 163 166 0.044 440 0.42 11.2 5400 1770 150 203 54 3 3.1 7.5 20 0.21
KL38-03 166 168 0.102 1020 0.39 13.4 17800 1260 180 306 94 8 3.3 22.5 34 0.28
KL38-03 168 171.1 0.32 3200 1.16 16.2 26300 540 550 528 530 22 3.6 35.5 24 0.8
KL38-03 171.1 173.2 0.47 4700 1.57 36.3 77000 1680 310 311 261 19 5.5 34.0 38 1.22
KL38-03 173.2 175 0.46 4600 1.6 10.4 7000 2500 63 415 122 34 3.6 73.0 259 0.42
KL38-03 175 178 0.525 5250 1.73 13.1 4300 78 39 132 34 34 3.1 62.0 141 0.22
KL38-03 178 181 1.01 10100 1.76 10 4700 160 48 74 32 73 3.2 19.8 87 0.26
KL38-03 181 184 0.94 9400 1.49 7.4 1170 281 280 110 29 83 3.5 55.0 183 0.36
KL38-03 184 188.2 2.16 21600 1.33 15.6 970 127 38 113 44 55 1.4 24.0 187 0.24
KL38-03 188.2 191.4 3.62 36200 0.67 13 610 342 35 62 406 120 2.9 30.0 176 0.38
KL38-03 191.4 194.2 3.28 32800 0.76 8.9 184 117 29 120 370 88 3.1 26.5 172 0.32
KL38-03 194.2 197.5 1.38 13800 0.5 4.5 640 126 210 224 27 47 2.6 17.5 224 0.62
KL38-03 197.5 199.6 2.86 28600 0.54 20.9 201 326 3380 108 82 23 8 23.0 200 2.7
KL38-03 199.6 202 1.06 10600 0.34 6.5 170 124 610 560 11 45 2.6 30.3 257 1
KL38-03 202 205 1.85 18500 0.88 7 530 188 390 140 10 101 2.2 26.5 206 1.02
KL38-03 205 208 1.1 11000 0.57 4.4 269 163 440 246 4 70 2 19.8 320 0.64
KL38-03 208 210.7 1.73 17300 0.62 5.8 190 96 280 311 5 90 1.8 29.0 249 0.88
KL38-03 210.7 213.2 1.44 14400 0.68 5.1 410 120 410 304 4 100 1.5 38.0 197 1.2
KL38-03 213.2 216.1 2.37 23700 0.66 8.7 400 137 340 421 4 70 1.7 39.0 236 1.78
KL38-03 216.1 218.1 0.443 4430 0.44 3.1 1510 134 700 646 10 56 1.4 49.0 230 0.56
KL38-03 218.1 220.1 1.06 10600 0.72 3 334 112 1710 1400 4 70 3.2 19.5 308 0.84
KL38-03 220.1 223.1 1.31 13100 0.8 3.8 530 170 200 1080 5 60 2.4 24.0 201 0.88
KL38-03 223.1 227 1.11 11100 0.96 3.7 540 195 290 354 11 70 2.8 19.3 254 0.68



Appendix V - 300 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL38-03 227 230.1 1.69 16900 0.92 7.4 2300 520 330 641 80 109 3 39.5 172 0.56
KL38-03 230.1 233.5 3.29 32900 0.98 2.9 178 86 52 145 2 95 1.7 38.0 185 0.59
KL38-03 233.5 236.7 1.12 11200 0.48 1.6 630 84 32 101 4 110 1 55.0 190 0.2
KL38-03 236.7 239.3 2.09 20900 0.74 2.2 201 65 41 118 2 112 0.9 36.0 145 0.4
KL38-03 239.3 242 0.85 8500 0.54 1.4 176 62 39 37 3 73 0.8 58.0 219 0.29
KL38-03 242 245.1 1.71 17100 0.58 2.1 530 83 35 72 2 90 1.5 53.0 255 0.4
KL38-03 245.1 247.8 3.91 39100 0.68 2.8 196 56 21 64 1 89 0.8 26.0 214 0.23
KL38-03 247.8 251.5 2.82 28200 0.9 3.4 260 167 21 61 3 75 0.7 33.0 232 0.29
KL38-03 251.5 254.5 0.48 4800 0.26 1.3 580 194 35 46 4 48 0.4 37.3 152 0.12
KL38-03 254.5 257 1.5 15000 0.82 2.3 1000 260 38 69 3 80 0.4 35.5 139 0.45
KL38-03 257 260.5 1.51 15100 0.54 1.6 760 274 23 130 4 75 0.5 37.5 145 0.3
KL38-03 260.5 263.1 1.31 13100 0.56 1.9 980 235 26 399 5 57 0.4 32.0 195 0.18
KL38-03 263.1 266.4 2.48 24800 0.82 3 660 154 46 313 2 114 0.6 48.5 211 0.4
KL38-03 266.4 269.6 1.61 16100 0.55 1.6 145 46 48 167 3 106 0.7 33.0 213 0.24
KL38-03 269.6 272.5 1.15 11500 0.45 1 114 39 53 349 2 90 0.5 35.0 147 0.34
KL38-03 272.5 275.5 1.57 15700 0.56 1.9 159 74 640 500 5 145 1.8 34.0 187 0.38
KL38-03 275.5 278.5 3.77 37700 0.74 3.4 56 54 840 514 2 104 0.9 24.0 186 0.18
KL38-03 278.5 281.5 1.36 13600 0.5 1.8 148 95 410 213 5 83 3 40.0 181 0.1
KL38-03 281.5 284.5 1.17 11700 0.48 1.1 126 67 810 39 7 60 1.2 31.7 135 0.21
KL38-03 284.5 287.5 1.49 14900 0.56 4 84 44 450 38 9 82 1.1 27.5 174 0.15
KL38-03 287.5 290.5 2.49 24900 1.04 7 59 41 2080 195 8 57 3.2 22.5 72 0.11
KL38-03 290.5 293.5 2 20000 0.72 2.9 59 34 360 404 17 94 4.3 32.0 194 0.13
KL38-03 293.5 296.5 1.09 10900 0.8 2 92 56 850 329 20 90 2.3 36.0 199 0.01
KL38-03 296.5 299.5 1.49 14900 0.56 1.5 116 45 300 75 3 145 1.3 36.5 155 0.01
KL38-03 299.5 302.5 1.12 11200 2.13 3 90 56 1130 60 34 39 1.3 55.0 140 0.01
KL38-03 302.5 305.1 1.01 10100 2.05 2 105 114 1450 52 4 17 1 40.5 190 0.1
KL38-03 305.1 308.2 1.04 10400 2.61 4.3 130 129 410 15 70 11 1.2 39.5 182 0.1
KL38-03 308.2 311.3 1.38 13800 2.03 2.7 101 67 360 120 12 33 1 51.0 163 0.13
KL38-03 311.3 314.4 1.41 14100 1.73 5.4 56 40 22 30 28 75 0.5 29.0 167 0.12
KL38-03 314.4 317.8 1.25 12500 2.24 8.8 78 57 60 42 32 150 1.4 19.2 112 0.01
KL38-03 317.8 320.5 1.8 18000 1.79 5.5 94 36 63 25 29 100 0.8 30.0 143 0.01
KL38-03 320.5 323.5 1.24 12400 0.77 1.4 70 48 60 70 3 42 1.5 28.0 135 0.1
KL38-03 323.5 326.5 0.85 8500 0.5 0.8 158 50 83 125 2 28 0.8 39.0 102 0.01
KL38-03 326.5 329 1.08 10800 0.56 1.5 2800 68 65 207 6 59 0.9 76.0 120 0.1
KL38-03 329 332.5 2.53 25300 1.49 2.1 135 44 340 570 4 65 1.2 46.0 129 0.12
KL38-03 332.5 335.5 0.98 9800 1.25 0.8 40 24 21 670 5 61 0.4 79.0 97 0.01
KL38-03 335.5 338.5 0.35 3500 0.53 0.6 145 68 310 150 3 184 0.6 73.0 97 0.01
KL38-03 338.5 341.5 0.534 5340 0.85 1.5 184 113 1200 102 4 119 1 42.0 95 0.1
KL38-03 341.5 344.5 1.8 18000 1.28 2.3 374 190 2100 116 6 76 2.2 40.0 136 0.21
KL38-03 344.5 346.8 1.7 17000 1.2 2.5 226 240 1880 100 3 50 1.6 43.0 131 0.19
KL38-03 346.8 349.9 1.17 11700 0.78 1 80 84 140 70 4 40 1.1 28.5 102 0.01
KL38-03 349.9 353 1.03 10300 0.72 0.9 178 104 92 78 3 68 1.4 51.0 114 0.01
KL38-03 353 356 0.73 7300 1.44 1.8 420 98 820 117 5 58 3.3 65.0 104 0.2
KL38-03 356 359.5 0.83 8300 1.07 1.4 410 129 410 75 5 42 1.3 64.0 131 0.1
KL38-03 359.5 362.5 0.79 7900 0.69 1.1 187 53 110 50 6 45 1.4 75.0 124 0.1
KL38-03 362.5 365.5 1.42 14200 1.41 2.6 51 28 53 139 4 89 1 60.0 136 0.01
KL38-03 365.5 368.5 1.22 12200 1.07 3.3 52 35 85 93 7 50 0.6 65.0 131 0.01
KL38-03 368.5 372.5 1.48 14800 1.44 5.7 89 46 68 325 6 19 1 38.0 182 0.1
KL38-03 372.5 374.5 1.37 13700 3.28 26.7 410 124 210 284 67 41 3.8 17.0 142 0.21
KL38-03 374.5 377 1.96 19600 2.03 21 1830 104 220 360 63 33 2 27.0 103 0.2
KL38-03 377 380.2 1.77 17700 1.95 9.4 430 405 270 62 4 48 2 32.0 114 0.12
KL38-03 380.2 383.3 1.77 17700 1.68 7 314 170 530 64 8 28 1.6 27.0 96 0.1
KL38-03 383.3 386.4 1.93 19300 1.63 24.6 284 201 2150 15 46 50 1.9 28.5 85 0.01
KL38-03 386.4 390.6 1.73 17300 1.95 36.1 2010 310 3200 68 39 46 3.1 30.0 102 0.01
KL38-03 390.6 393.9 2.13 21300 1.79 23.9 510 204 4000 7 40 27 3.1 31.0 96 0.01
KL38-03 393.9 398.5 1.62 16200 1.65 27.9 5000 1470 740 168 102 17 7 37.0 85 0.01
KL38-03 398.5 401.5 1.99 19900 1.54 16.9 980 265 2100 78 46 50 2 47.5 126 0.01
KL38-03 401.5 403.5 0.65 6500 0.78 5.1 272 124 1080 233 28 24 1.9 37.5 97 0.01
KL38-03 403.5 406.8 0.313 3130 0.38 2 195 72 600 52 6 14 7.3 30.0 115 0.01
KL38-03 406.8 409.5 0.182 1820 0.2 1.2 267 271 100 103 4 13 2.9 16.5 104 0.01
KL38-03 409.5 412.5 0.33 3300 0.35 2.2 480 357 110 108 2 12 1.2 10.2 108 0.01
KL38-03 412.5 416.5 0.72 7200 0.81 3.2 310 150 760 232 7 20 1.2 13.2 127 0.1
KL38-03 416.5 419 0.466 4660 0.84 2.8 349 210 370 358 9 25 1.1 19.0 184 0.13



Appendix V - 301 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL38-03 419 421.5 0.481 4810 1.4 2.5 1400 570 85 68 26 20 1.5 18.5 74 0.16
KL38-03 421.5 425.5 0.418 4180 2.32 4.2 78 42 65 95 50 14 0.8 15.2 50 0.1
KL38-03 425.5 428.5 3.35 33500 2.24 31.4 321 251 210 70 54 19 11.9 22.0 72 0.13
KL38-03 428.5 431.5 3.19 31900 2.96 24.1 670 970 30 1575 61 34 2.2 19.0 98 0.32
KL38-03 431.5 434.5 4.62 46200 2.67 31.4 1780 1540 160 650 60 30 11.2 27.5 93 0.16
KL38-03 434.5 437.5 4.83 48300 2.01 33.7 1240 1170 78 1710 56 21 8.9 31.5 76 0.2
KL38-03 437.5 440.5 3.53 35300 4.83 25.4 6200 3600 260 1050 98 79 11.6 22.0 72 0.98
KL38-03 440.5 443.5 1.27 12700 4.08 7.8 3700 1090 180 440 35 73 14.1 30.5 84 0.64
KL38-03 443.5 446.5 2.26 22600 3.84 8.1 770 314 370 225 2 110 9.3 23.0 69 0.5
KL38-03 446.5 449 2.02 20200 2.99 7.5 1230 680 850 117 5 99 10.4 31.0 44 0.26
KL38-03 449 451.5 0.88 8800 3.01 5.5 3000 760 380 25 6 83 13.4 11.5 105 0.59
KL38-03 451.5 454.3 0.433 4330 3.63 2.8 2100 280 300 3 6 51 14.2 7.2 93 0.31
KL38-03 454.3 456.5 0.34 3400 1.76 2.3 420 232 100 5 1 21 12.5 6.8 58 0.01
KL38-04 421 424 0.211 2110 0.72 1.2 58 37 22 81 15 8 0.6 8.0 42 0.01
KL38-04 424 427 0.22 2200 0.74 1.3 57 38 23 57 22 11 1 9.5 56 0.01
KL38-04 427 430 1.37 13700 2.74 18.7 104 54 62 250 42 8 1.1 17.5 72 0.2
KL38-04 430 433 2.57 25700 2.94 35.4 215 173 40 168 14 8 3.3 17.0 80 0.23
KL38-04 433 436 4.21 42100 2.16 30.2 360 340 55 130 44 16 8.2 31.3 136 0.12
KL38-04 436 439 4 40000 2.7 31.6 2390 2000 190 425 30 20 8.7 22.5 111 0.3
KL38-04 439 442 1.81 18100 4.1 11.5 1760 530 250 347 15 37 17.6 20.5 101 0.6
KL38-04 442 445.9 1.22 12200 2.5 7.8 2790 1050 240 216 5 42 10.5 10.2 65 0.4
KL38-04 445.9 449.5 0.85 8500 1.72 3.9 560 560 230 29 4 35 7 12.4 73 0.1
KL38-04 449.5 452.5 0.7 7000 2.98 6 2740 407 310 8 5 31 12.8 8.8 75 0.41
KL38-04 452.5 455.6 0.401 4010 2.42 3 1370 410 270 5 3 45 16 8.5 56 0.1
KL38-04 455.6 458.5 1.42 14200 4.1 7.4 1560 271 19 21 6 128 7.9 14.5 58 0.01
KL38-04 458.5 461.5 3.9 39000 4.78 24.7 4260 450 870 140 15 309 12.7 40.0 88 0.01
KL38-04 461.5 463.5 2.1 21000 2.24 15.6 3140 185 55 10 2 144 7.7 16.5 92 0.01
KL38-04 463.5 466.5 0.91 9100 1.62 7.6 1780 81 250 21 1 68 10.5 7.8 58 0.01
KL38-04 466.5 468 0.94 9400 1.8 8.2 1450 100 310 10 1 61 12.2 7.6 35 0.01
KL38-04 468 471 2.36 23600 2.86 11.5 1560 124 480 18 2 124 20.3 9.7 61 0.01
KL38-04 471 474 0.81 8100 0.41 5.4 293 35 120 38 6 6 14.9 1.8 35 0.01
KL38-04 474 476 0.65 6500 0.73 5.8 460 47 180 12 4 6 11.2 2.0 28 0.01
KL38-04 476 479.5 1.47 14700 2.98 7.8 340 78 360 14 9 40 30 10.5 48 0.01
KL38-04 479.5 482.5 5.53 55300 3.5 22.4 1320 221 1100 346 4 201 60 25.0 107 0.38
KL38-04 482.5 485.5 6.16 61600 5.66 22.1 3900 830 4900 635 8 149 50 57.5 142 0.4
KL38-04 485.5 488.5 0.367 3670 1.01 2.9 526 180 1120 44 18 14 11.7 8.8 40 0.01
KL38-05 0 3.9 0.0021 21 0.38 0.1 175 54 17 3 0.01 1 0.6 1.7 18 0.01
KL38-05 3.9 6.8 0.0014 14 0.19 0.1 286 97 19 3 0.01 1 1.3 2.3 20 0.01
KL38-05 6.8 8.9 0.0032 32 0.5 0.8 302 81 21 7 0.01 1 1.5 4.3 27 0.01
KL38-05 8.9 11.7 0.0025 25 0.28 0.6 357 69 9 2 0.01 1 1.3 0.8 26 0.01
KL38-05 11.7 14.7 0.0022 22 0.14 0.6 349 87 8 3 0.01 1 0.9 1.8 23 0.01
KL38-05 14.7 17.7 0.0026 26 0.29 0.7 171 72 11 2 0.01 1 0.8 1.8 21 0.01
KL38-05 17.7 20.7 0.0054 54 0.29 2.8 3320 920 26 5 0.01 1 5.1 4.0 26 0.11
KL38-05 20.7 23.5 0.0185 185 0.39 31 30200 15000 170 8 0.01 1 36 15.0 40 1.13
KL38-05 23.5 26.7 0.0024 24 0.13 0.1 241 118 13 6 0.01 1 1 1.8 21 0.01
KL38-05 26.7 29.7 0.0018 18 0.14 0.7 1360 245 14 4 0.01 1 3.1 3.0 21 0.01
KL38-05 29.7 32.7 0.0016 16 0.07 0.1 348 100 12 3 0.01 1 1.7 2.3 20 0.01
KL38-05 32.7 35.7 0.0023 23 0.08 0.8 1440 231 14 5 0.01 1 3.6 2.3 26 0.01
KL38-05 35.7 38.7 0.0045 45 0.24 2.6 2570 870 33 12 0.01 1 7.1 4.3 29 0.24
KL38-05 38.7 40.5 0.0036 36 0.13 2.2 2800 720 22 4 0.01 1 6.4 4.3 23 0.18
KL38-05 40.5 43.1 0.0038 38 0.07 0.8 650 430 66 6 0.01 1 3.8 2.5 28 0.3
KL38-05 43.1 46.2 0.0018 18 0.1 2.1 560 790 90 3 0.01 1 4.2 1.0 27 0.41
KL38-05 46.2 49 0.0009 9 0.05 0.1 430 168 6 2 0.01 1 1.6 1.3 22 0.01
KL38-05 49 53.3 0.0012 12 0.06 0.5 1260 211 4 4 0.01 1 2.3 3.8 21 0.1
KL38-05 53.3 56.7 0.0012 12 0.06 0.1 950 177 6 4 0.01 1 2.8 2.0 23 0.01
KL38-05 56.7 59.7 0.0017 17 0.08 0.6 520 95 8 3 0.01 2 2 2.5 21 0.26
KL38-05 59.7 62.7 0.0144 144 0.44 5.2 8100 2800 48 5 0.01 1 42 15.1 36 1.29
KL38-05 62.7 66 0.0083 83 1.12 2.9 13000 2600 82 7 4 1 19.7 10.3 44 0.52
KL38-05 66 68.6 0.0032 32 0.12 0.1 1680 710 26 4 2 1 3 2.8 25 0.01
KL38-05 68.6 70.5 0.0059 59 0.79 1.6 8300 2600 39 5 3 2 9.9 7.5 40 0.28
KL38-05 70.5 73.6 0.0044 44 0.37 0.7 6200 2400 23 3 1 1 5.2 5.5 32 0.2
KL38-05 73.6 76.5 0.0033 33 0.23 0.9 5000 2400 21 5 1 1 4.8 5.5 30 0.15
KL38-05 76.5 80.1 0.0167 167 0.82 1.5 7300 2700 110 37 7 5 19.5 8.3 57 0.38



Appendix V - 302 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL38-05 80.1 83.3 0.0158 158 0.7 1.4 7100 2500 62 146 6 4 18.5 7.8 70 0.37
KL38-05 83.3 86.3 0.0125 125 0.22 0.7 1270 470 85 21 2 5 5.7 10.0 49 0.11
KL38-05 86.3 88.8 0.209 2090 0.36 15.3 6000 2700 540 31 176 6 86 38.5 51 0.8
KL38-05 88.8 91.6 0.5 5000 1.51 49 24800 17900 980 364 402 8 150 159.0 147 1.22
KL38-05 91.6 95.8 0.0074 74 0.91 2 7100 1390 96 351 5 2 7.8 5.3 117 0.25
KL38-05 95.8 99 0.0021 21 0.13 0.1 1970 580 30 12 1 1 3.1 2.8 94 0.01
KL38-05 99 103.1 0.0025 25 0.15 0.6 1190 356 45 34 0.01 1 2.5 1.0 126 0.01
KL38-05 103.1 107.7 0.0032 32 0.17 1.2 2830 870 55 46 1 1 4.6 2.3 131 0.01
KL38-05 107.7 110.7 0.0017 17 0.21 0.6 2200 690 44 151 3 1 4 1.8 89 0.01
KL38-05 110.7 113.7 0.199 1990 3.42 8.8 24100 2500 820 550 53 27 26 49.0 116 0.38
KL38-05 113.7 116.7 0.175 1750 0.94 4.7 19700 2100 550 108 9 13 32 24.5 93 0.41
KL38-05 116.7 119.9 0.109 1090 0.65 3.9 14800 1340 420 235 25 24 30 28.2 97 0.46
KL38-05 119.9 122.7 0.0049 49 0.1 0.7 1020 166 21 44 5 2 1.7 4.0 21 0.1
KL38-05 122.7 126.7 0.0028 28 0.28 1.2 1490 490 63 31 4 1 3.8 6.0 69 0.16
KL38-05 126.7 130.7 0.0079 79 0.25 1.8 2330 440 54 40 10 1 2.2 9.3 27 0.16
KL38-05 130.7 133.7 0.0037 37 0.07 0.7 940 195 25 53 3 1 0.9 2.0 44 0.01
KL38-05 133.7 136.3 0.0021 21 0.03 0.1 376 130 9 14 1 1 0.6 1.3 26 0.01
KL38-05 136.3 140.8 0.0045 45 0.04 0.1 460 156 11 15 2 1 0.8 2.3 31 0.01
KL38-05 140.8 142.7 0.0401 401 0.09 0.9 2420 155 130 27 34 4 2 4.3 28 0.01
KL38-05 142.7 144.7 0.0021 21 0.04 0.1 127 43 52 446 4 1 2.5 0.8 24 0.01
KL38-05 144.7 148.1 0.096 960 0.1 0.1 430 50 72 500 5 7 9.1 3.3 26 0.01
KL38-05 148.1 151.4 0.07 700 0.41 3.3 4780 390 210 179 23 13 6.2 11.0 35 0.3
KL38-05 151.4 154.8 0.0221 221 0.16 7.7 8300 920 82 32 49 40 1.7 14.5 14 0.01
KL38-05 154.8 157.2 0.0356 356 0.51 14.6 8100 4300 130 73 64 1 4.8 35.0 16 0.16
KL38-05 157.2 161 0.0351 351 0.44 13.6 9500 7400 160 54 39 1 11.3 17.0 18 0.12
KL38-05 161 164.3 0.054 540 0.23 12 4700 12100 210 107 23 1 11.1 9.0 16 0.01
KL38-05 164.3 167.1 0.0073 73 0.13 2.9 2120 2250 42 17 3 1 3 4.8 18 0.01
KL38-05 167.1 170 0.0075 75 0.08 2.5 1940 890 40 19 7 1 1.5 6.5 16 0.01
KL38-05 170 172.6 0.0094 94 0.13 4.7 3920 1280 64 16 13 1 1.5 7.5 14 0.01
KL38-05 172.6 175.1 0.0096 96 0.27 2.5 1510 550 54 34 8 1 2 4.0 30 0.14
KL38-05 175.1 178.8 0.0167 167 0.28 4.9 4010 1780 120 35 25 1 2.2 12.3 20 0.01
KL38-05 178.8 181 0.041 410 0.3 2.4 3340 376 140 54 27 6 1 2.8 26 0.01
KL38-05 181 184 0.49 4900 1.48 14.8 31500 1590 400 73 280 121 6.1 60.0 47 0.01
KL38-05 184 186.1 0.36 3600 0.88 5 490 630 57 51 37 19 9.6 11.0 26 0.01
KL38-05 186.1 188.9 0.62 6200 0.84 1.8 820 289 27 990 3 25 4.6 11.3 37 0.01
KL38-05 188.9 192 0.72 7200 1.33 2.1 530 407 16 337 7 72 3.5 15.8 39 0.01
KL38-05 192 195 0.83 8300 1.08 1.8 530 170 18 318 2 43 2.2 14.3 54 0.01
KL38-05 195 198 0.65 6500 0.74 3 710 249 16 189 2 42 0.9 12.8 40 0.01
KL38-05 198 201 0.82 8200 1.14 15.3 860 1360 26 177 2 64 2.1 29.5 35 0.01
KL38-05 201 204 1.19 11900 1.36 7.8 660 850 56 168 2 70 2.4 22.8 47 0.01
KL38-05 204 207 1.2 12000 1.31 4.9 1490 990 61 228 1 56 4 20.0 38 0.01
KL38-05 207 210 1.2 12000 1.04 13.2 256 168 64 226 11 97 1.5 28.5 44 0.01
KL38-05 210 213 1.75 17500 1.3 24 440 356 240 49 10 45 3 47.0 63 0.01
KL38-05 213 216 0.76 7600 1.06 3.6 720 232 1100 998 6 38 1.5 33.0 126 0.16
KL38-05 216 219 0.85 8500 1.2 4.5 1680 234 2280 325 7 51 1.8 32.5 98 0.32
KL38-05 219 221.7 0.31 3100 0.36 3.2 145 58 250 1580 9 17 1.5 30.6 67 0.01
KL38-05 221.7 223.2 0.34 3400 0.34 2 135 46 73 382 5 38 2.6 22.3 95 0.01
KL38-05 223.2 225.8 0.28 2800 0.21 1.5 103 40 33 79 3 28 2.7 26.5 127 0.01
KL38-05 225.8 228.4 2.21 22100 1.36 7.4 158 47 74 161 4 82 3.6 34.0 56 0.01
KL38-05 228.4 231.3 1.88 18800 1.18 5.9 152 57 63 160 3 78 7.1 26.0 38 0.01
KL38-05 231.3 234.3 1.69 16900 1.15 6.4 156 53 54 235 3 68 4.4 20.5 35 0.01
KL38-05 234.3 236.7 1.05 10500 0.91 4 189 62 62 510 2 43 6.6 15.5 42 0.01
KL38-05 236.7 239.7 0.66 6600 0.67 3.1 114 74 41 51 3 49 4.7 14.8 31 0.01
KL38-05 239.7 242.7 1.7 17000 1.03 5.2 166 57 47 342 1 54 4.9 22.0 34 0.01
KL38-05 242.7 245.7 1.5 15000 0.9 5.4 171 50 53 457 2 50 3.9 21.5 36 0.01
KL38-05 245.7 247.7 1.46 14600 0.96 6.3 1360 139 72 801 2 48 5.6 18.5 40 0.01
KL38-05 247.7 251.2 1.27 12700 0.72 1.3 361 35 13 62 5 36 0.6 22.5 31 0.01
KL38-05 251.2 254 1.62 16200 1.74 11.8 14700 407 1350 271 8 58 2 38.5 103 0.01
KL38-05 254 256.6 0.72 7200 0.64 6.1 9100 340 480 930 2 38 5.6 32.0 85 0.01
KL38-05 256.6 260.5 0.82 8200 0.48 4.6 550 70 210 53 5 56 2 40.0 138 0.01
KL38-05 260.5 264 0.59 5900 0.45 5.1 170 35 36 21 6 84 2.5 33.0 49 0.01
KL38-05 264 267 2.19 21900 1.84 12.3 106 30 38 43 15 92 1.4 53.0 131 0.01
KL38-05 267 270 1.53 15300 1.68 6.9 115 30 34 106 8 65 1.9 28.0 57 0.01



Appendix V - 303 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL38-05 270 272.9 2.22 22200 1.71 14.5 134 43 11 360 8 97 2 53.0 49 0.01
KL38-05 272.9 275.7 1.96 19600 1.24 9.5 103 32 58 470 4 58 2.1 44.0 52 0.01
KL38-05 275.7 278.7 1.32 13200 1.06 4.1 66 18 24 34 5 61 0.5 39.0 63 0.01
KL38-05 278.7 281.7 1.2 12000 0.86 3.8 56 19 4 120 5 38 0.6 28.0 32 0.01
KL38-05 281.7 284.7 1.21 12100 0.78 6.2 6300 264 730 330 3 40 3.2 32.0 52 0.01
KL38-05 284.7 287.7 2.12 21200 1.66 6.3 48 21 9 25 4 69 0.7 30.0 67 0.01
KL38-05 287.7 290.7 3.43 34300 2.52 9.2 53 23 11 8 2 51 0.5 23.0 39 0.01
KL38-05 290.7 293.7 2.93 29300 1.16 5.8 420 58 1850 136 4 68 1.8 62.0 55 0.18
KL38-05 293.7 296.2 3.23 32300 1.76 5.6 133 39 250 262 2 72 1.8 33.0 51 0.33
KL38-05 296.2 299.3 2.7 27000 1.56 6.5 60 19 9 255 2 48 0.5 24.0 40 0.1
KL38-05 299.3 302.4 2.35 23500 1.36 6.3 116 37 230 340 4 40 1.8 20.0 70 0.38
KL38-05 302.4 305.5 1.88 18800 1.22 3.7 52 20 8 169 4 48 0.4 22.0 31 0.01
KL38-05 305.5 308.6 2.32 23200 1.4 5.7 56 16 8 132 3 54 0.4 27.0 40 0.01
KL38-05 308.6 311.7 4.59 45900 2.44 11.6 43 16 22 129 2 56 0.4 32.5 80 0.1
KL38-05 311.7 314.8 3.24 32400 2.72 9.6 58 28 35 177 4 60 0.8 33.0 71 0.24
KL38-05 314.8 318 5.39 53900 2.74 7.6 66 18 29 318 2 91 0.8 35.0 68 0.01
KL38-05 318 321 4.16 41600 0.96 9.8 3600 490 5200 160 3 113 9.7 71.2 70 1.91
KL38-05 321 324 5.8 58000 2.08 13.1 148 54 27 79 1 75 0.8 55.0 62 0.21
KL38-05 324 327 3.17 31700 1.86 10.1 51 15 14 104 2 53 0.5 19.0 39 0.01
KL38-05 327 330 2.33 23300 4.15 7.6 156 61 500 111 2 66 3 39.0 78 0.99
KL38-05 330 333 2.08 20800 1.04 4.2 60 67 13 48 2 46 0.7 29.0 85 0.2
KL38-05 333 336 2.38 23800 0.8 8.7 389 181 25 95 3 52 0.6 36.0 59 0.44
KL38-05 336 339 3.21 32100 1.78 7.8 420 94 640 74 2 53 1.8 20.0 56 0.38
KL38-05 339 342 4.36 43600 2.68 12.4 121 57 27 22 4 67 1.2 27.5 61 0.45
KL38-05 342 345 2.89 28900 1.82 14.1 114 81 51 17 3 54 2.4 31.0 52 0.48
KL38-05 345 347.7 3.64 36400 1.86 8.8 57 39 16 5 2 53 0.8 15.0 36 0.15
KL38-05 347.7 350.7 4.59 45900 2.24 16.1 46 38 13 9 3 58 1.1 14.5 40 0.13
KL38-05 350.7 353.7 5.17 51700 3.14 8.4 33 17 11 48 3 65 0.7 32.5 94 0.01
KL38-05 353.7 356.7 3.69 36900 4.5 16.6 59 180 770 60 4 55 0.9 26.0 72 0.59
KL38-05 356.7 359.7 3.66 36600 3.5 23.2 78 49 820 78 4 66 0.9 21.0 70 0.35
KL38-05 359.7 362.7 3.61 36100 4.7 16.4 44 21 61 91 4 68 0.7 21.0 84 0.01
KL38-05 362.7 365.7 4.16 41600 3.82 9.8 98 570 2000 33 2 53 2.2 27.0 85 0.24
KL38-05 365.7 368.7 4.99 49900 4.2 13.5 239 1120 1680 49 2 54 4.2 30.0 78 0.47
KL38-05 368.7 371.7 5.56 55600 4.74 16.5 510 1800 3600 45 3 43 3.2 42.5 51 0.45
KL38-05 371.7 374.8 4.3 43000 3.46 15.7 59 34 22 8 3 38 1 20.5 39 0.01
KL38-05 374.8 377.8 2.9 29000 2.04 10.4 57 20 11 8 7 47 0.9 28.0 47 0.01
KL38-05 377.8 380.8 3.65 36500 2.52 17.9 510 23 15 7 11 95 1.2 13.5 88 0.01
KL38-05 380.8 383.8 3.25 32500 2.54 17 710 34 14 6 10 63 1.3 12.0 72 0.01
KL38-05 383.8 386.9 2.13 21300 1.82 15.3 361 44 10 11 7 48 1.1 14.0 94 0.15
KL38-05 386.9 389.7 2.97 29700 2.24 18.4 1760 89 10 10 8 67 1.5 17.0 54 0.01
KL38-05 389.7 392.7 2.3 23000 1.98 9.3 550 29 7 51 7 55 1.4 23.0 102 0.01
KL38-05 392.7 395.7 1.6 16000 1.5 11.7 440 126 41 18 5 26 1.2 14.5 114 0.01
KL38-05 395.7 398.7 2.36 23600 1.76 15.1 450 323 350 49 5 23 1.8 14.0 196 0.01
KL38-05 398.7 401.7 1.44 14400 1.5 16.5 1310 520 240 42 8 28 1.9 10.0 152 0.01
KL38-05 401.7 404.7 1.1 11000 1.08 18 470 90 21 39 7 30 1.7 12.0 208 0.01
KL38-05 404.7 407.7 1.93 19300 1.48 15.5 1070 69 9 20 10 62 1.9 16.0 97 0.01
KL38-05 407.7 410.7 1.94 19400 0.94 7.4 950 66 13 11 12 92 2.3 13.5 52 0.01
KL38-05 410.7 413.7 1.74 17400 0.78 7.3 940 81 12 10 5 86 1.6 15.5 65 0.01
KL38-05 413.7 416.8 2 20000 0.96 6.4 1340 166 17 28 7 175 1.7 12.0 56 0.01
KL38-05 416.8 419.9 1.38 13800 0.94 6.2 630 94 21 71 7 107 2.6 24.5 64 0.01
KL38-05 419.9 422.9 0.835 8350 0.68 3.7 510 114 10 22 13 72 1.6 10.9 57 0.01
KL38-05 422.9 425.9 1.66 16600 0.92 6.5 720 69 4 9 6 125 1.1 18.5 55 0.01
KL38-05 425.9 429 2.5 25000 0.98 10.5 1040 164 2 16 8 68 0.4 4.0 26 0.01
KL38-05 429 432 1.96 19600 1.2 11.4 375 72 16 71 14 66 0.6 13.3 103 0.26
KL38-05 432 435 0.6 6000 0.88 3.5 1530 299 280 494 6 17 0.6 11.8 107 0.84
KL38-05 435 438 0.81 8100 0.46 2.6 391 129 1350 2010 3 20 33 9.5 96 0.25
KL38-05 438 441 1.03 10300 0.5 5.7 520 196 65 920 6 33 2 16.0 89 0.16
KL38-05 441 444 0.75 7500 0.5 6.1 720 420 2100 450 4 16 14.8 9.8 84 0.42
KL38-05 444 447 0.74 7400 0.22 3.7 412 161 43 96 5 15 1.5 13.0 76 0.11
KL38-05 447 450 0.445 4450 0.28 3.1 261 206 380 58 5 13 1.1 16.3 66 0.26
KL38-05 450 452.1 0.64 6400 0.28 5 378 191 1190 75 3 21 4.8 11.5 112 0.33
KL38-05 452.1 454.8 0.82 8200 0.68 3.6 440 204 53 80 17 15 1.6 11.5 117 0.2
KL38-05 454.8 457 0.58 5800 0.32 2 132 84 22 124 2 16 0.6 7.6 60 0.01



Appendix V - 304 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL38-05 457 459.7 1.25 12500 1.3 14.1 1130 287 87 6 34 47 2.2 11.5 157 0.6
KL38-05 459.7 462 2.15 21500 1.54 15.3 1120 260 150 58 24 38 2.8 19.0 159 1
KL38-05 462 464.9 1.28 12800 1.08 17.8 190 263 24 69 22 27 1.4 10.5 181 0.12
KL38-05 464.9 467.9 2.33 23300 1.82 22.9 650 245 18 20 2 19 1.2 28.0 183 0.17
KL38-05 467.9 470.7 1.57 15700 1.18 35.1 333 182 16 66 38 21 1.3 13.7 179 0.01
KL38-05 470.7 473.7 1.2 12000 1.18 28.4 500 275 53 37 26 24 1.4 18.5 192 0.01
KL38-05 473.7 476.4 1.47 14700 1.62 24.8 2600 480 180 60 10 23 2.4 20.3 151 0.01
KL38-05 476.4 479.4 2.02 20200 3 12.2 13900 3400 190 7 7 37 1.5 20.0 68 0.19
KL38-05 479.4 482.5 3.8 38000 4.2 8 1490 1120 10 5 3 51 1 21.0 54 0.01
KL38-05 482.5 485.6 3.18 31800 3.66 5.9 2150 4000 12 26 4 54 1.5 19.0 56 0.01
KL38-05 485.6 488.7 3.46 34600 3.42 5.1 1480 337 18 2 2 40 1.1 30.0 52 0.01
KL38-05 488.7 491.7 2.44 24400 2.89 3.6 880 196 18 3 2 28 0.8 27.0 38 0.01
KL38-05 491.7 494.7 3.35 33500 3.62 4.4 910 123 10 3 2 49 0.8 25.5 52 0.01
KL38-05 494.7 497.7 2.7 27000 3.62 3.5 540 55 0.01 1 2 43 0.4 13.0 39 0.01
KL38-05 497.7 500.7 3 30000 3.82 4 480 54 0.01 1 2 42 0.9 0.0 30 0.01
KL38-05 500.7 503.7 2.76 27600 3.14 4 325 69 3 3 3 50 0.4 10.0 42 0.01
KL38-05 503.7 506.1 2.81 28100 2.52 4.6 710 127 4 4 3 50 1.1 8.0 46 0.01
KL38-05 506.1 508.2 2.01 20100 1.64 3.9 790 84 4 4 2 64 0.5 7.5 36 0.01
KL38-05 508.2 510.4 0.77 7700 0.7 4.1 480 181 39 42 28 43 0.8 15.3 42 0.01
KL38-05 510.4 512.7 0.62 6200 0.86 3.5 293 82 40 9 15 65 0.5 20.0 91 0.01
KL38-05 512.7 515.7 1.26 12600 1.48 6.4 730 74 29 14 14 58 0.6 21.4 31 0.01
KL38-05 515.7 518.7 1.75 17500 1.36 5.3 860 27 14 1 5 44 0.3 11.5 54 0.01
KL38-05 518.7 521.7 1.59 15900 1.15 4.5 550 28 17 3 4 60 0.3 18.0 41 0.01
KL38-05 521.7 524.7 1.6 16000 1.02 3.2 406 18 27 60 4 69 0.3 15.0 29 0.01
KL38-05 524.7 527.7 1.09 10900 0.82 4.5 359 26 41 9 13 49 0.5 23.0 30 0.01
KL38-05 527.7 530.7 1.48 14800 1.4 10.5 179 23 32 15 16 51 1 17.5 62 0.01
KL38-05 530.7 533.7 1.67 16700 1.88 6.6 580 31 44 5 69 38 0.4 23.7 55 0.01
KL38-05 533.7 536.7 0.62 6200 0.53 1.9 53 13 39 7 174 10 0.3 41.3 66 0.01
KL38-05 536.7 539.7 0.87 8700 0.95 3.3 64 11 23 6 103 10 0.8 29.5 83 0.01
KL38-05 539.7 542.7 0.85 8500 0.68 2.8 86 29 20 412 6 15 0.4 15.5 67 0.01
KL38-05 542.7 545.7 1.45 14500 0.88 3.3 271 29 6 113 0.01 15 0.2 10.0 27 0.01
KL38-05 545.7 548.7 1.25 12500 0.73 2.5 170 17 8 75 1 19 0.4 9.6 19 0.01
KL38-05 548.7 551.7 1.08 10800 0.73 2.3 240 37 12 18 2 16 0.9 9.4 31 0.01
KL38-05 551.7 554.7 0.68 6800 0.45 1.5 155 11 11 8 4 19 0.6 9.8 24 0.01
KL38-05 554.7 557.7 0.46 4600 0.31 1 79 20 14 376 3 21 0.5 15.8 38 0.01
KL38-05 557.7 560.7 1.3 13000 0.42 2.4 42 9 15 124 0.01 28 0.4 12.5 37 0.01
KL38-05 560.7 563.7 0.95 9500 0.61 2.1 53 11 12 38 4 26 0.5 19.5 54 0.01
KL38-05 563.7 566.7 1.08 10800 0.57 2.3 65 12 8 16 2 33 0.3 12.0 40 0.01
KL38-05 566.7 569.7 0.501 5010 0.33 1.2 64 11 7 81 1 24 3.6 16.0 43 0.01
KL38-05 569.7 572.7 1.2 12000 0.91 5.9 152 11 19 38 1 26 8.9 12.5 54 0.01
KL38-05 572.7 575.7 0.348 3480 0.13 0.7 52 13 2 70 1 24 0.01 21.0 46 0.01
KL38-05 575.7 578.7 0.467 4670 0.36 3.8 350 20 11 40 7 10 0.3 8.0 26 0.01
KL38-05 578.7 581.7 1.26 12600 0.77 4.3 141 7 4 26 2 36 0.6 18.5 28 0.01
KL38-05 581.7 584.7 1.02 10200 0.56 2.2 53 8 9 408 1 44 0.01 14.6 50 0.01
KL38-05 584.7 587.7 1.62 16200 0.53 3.1 50 6 9 130 2 49 0.01 26.0 75 0.01
KL38-05 587.7 590.7 0.96 9600 0.48 2.3 64 18 11 596 3 28 0.01 22.0 40 0.01
KL38-05 590.7 593.7 1.07 10700 0.6 3 71 8 10 71 1 19 0.8 9.9 37 0.01
KL38-05 593.7 596.7 0.99 9900 0.35 2 33 10 6 1350 2 19 0.01 17.8 57 0.01
KL38-05 596.7 599.7 0.534 5340 0.27 1.6 45 16 5 39 2 20 0.01 22.7 53 0.01
KL38-05 599.7 602.7 1.07 10700 0.56 3.1 81 8 8 125 0.01 29 0.01 14.0 23 0.01
KL38-05 602.7 605.7 1.02 10200 0.6 2.5 65 7 5 47 1 37 0.01 17.0 40 0.01
KL38-05 605.7 608.7 0.87 8700 0.49 1.8 79 13 2 26 0.01 27 0.01 9.1 25 0.01
KL38-05 608.7 611.7 0.542 5420 0.28 1.3 51 7 7 36 1 15 0.01 11.3 25 0.01
KL38-05 611.7 614.7 0.67 6700 0.39 1.9 62 6 16 10 1 17 0.8 8.3 27 0.01
KL38-05 614.7 617.7 0.418 4180 0.27 1.3 70 7 12 36 1 9 2.7 5.8 14 0.01
KL38-05 617.7 620.7 0.94 9400 0.6 3 72 8 16 20 2 31 1.4 10.5 34 0.01
KL38-05 620.7 623.7 1.06 10600 0.57 3.3 90 8 4 77 2 29 0.01 7.8 42 0.01
KL38-05 623.7 626.7 1.17 11700 1 5.4 5300 2500 69 50 1 27 0.5 9.0 28 0.18
KL38-05 626.7 629.7 1.16 11600 0.35 1.7 75 21 6 156 1 27 0.01 26.5 74 0.01
KL38-05 629.7 632.7 1.4 14000 0.93 12.4 304 11 18 55 2 25 0.01 19.5 34 0.01
KL38-05 632.7 635.7 0.341 3410 0.14 0.9 42 6 3 40 0.01 11 0.01 7.8 22 0.01
KL38-05 635.7 638.7 0.24 2400 0.06 0.7 38 6 2 1040 0.01 7 0.01 4.3 15 0.01
KL38-05 638.7 641.7 0.157 1570 0.03 0.6 32 5 2 157 0.01 5 0.01 5.8 27 0.01



Appendix V - 305 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL38-05 641.7 644.7 0.347 3470 0.15 2.1 79 10 5 518 1 12 0.2 6.3 17 0.01
KL38-05 644.7 647.7 0.485 4850 0.28 2.5 119 17 3 26 0.01 11 0.5 6.3 18 0.01
KL38-05 647.7 650.7 0.231 2310 0.13 1.3 56 13 4 75 0.01 10 0.2 4.8 9 0.01
KL38-05 650.7 653.7 0.396 3960 0.37 1.7 170 112 5 40 2 16 0.4 13.5 31 0.01
KL38-05 653.7 656.7 0.487 4870 0.25 7.2 4030 1010 6 16 22 12 0.6 13.0 31 0.01
KL38-05 656.7 659.7 0.169 1690 0.08 1.4 69 20 4 44 0.01 4 0.2 12.0 34 0.01
KL38-05 659.7 662.7 0.356 3560 0.22 1.2 63 8 1 34 2 7 0.01 5.6 34 0.01
KL38-05 662.7 665.7 0.491 4910 0.37 1.9 51 9 6 40 1 9 0.01 9.8 46 0.01
KL38-05 665.7 668.7 0.26 2600 0.25 1.3 43 10 4 21 0.01 9 0.5 4.8 24 0.01
KL38-05 668.7 671.7 0.44 4400 0.35 1.7 50 12 2 53 0.01 13 0.2 13.5 52 0.01
KL38-05 671.7 674.7 0.73 7300 0.98 1.4 97 9 2 10 1 17 0.01 21.5 60 0.01
KL38-05 674.7 677.7 0.21 2100 0.19 0.1 47 6 1 27 0.01 8 0.01 6.5 35 0.01
KL38-05 677.7 680.7 0.415 4150 0.17 1 63 14 5 366 0.01 11 0.01 21.2 55 0.01
KL38-05 680.7 683.7 0.506 5060 0.41 0.8 65 8 2 22 0.01 12 0.01 7.3 42 0.01
KL38-05 683.7 686.7 2.16 21600 1.61 3.2 173 8 2 12 0.01 32 0.2 19.0 48 0.01
KL38-05 686.7 689.7 1.7 17000 1.21 2.7 135 6 1 26 0.01 25 0.01 16.5 41 0.01
KL38-05 689.7 692.7 0.57 5700 0.75 0.7 56 6 1 40 0.01 7 0.01 5.8 32 0.01
KL38-05 692.7 695.7 0.72 7200 0.73 1 93 7 1 21 0.01 10 0.2 7.3 46 0.01
KL38-05 695.7 698.7 0.51 5100 0.36 0.9 71 6 4 53 0.01 9 0.2 7.0 41 0.01
KL38-05 698.7 701.7 0.529 5290 0.33 1.2 96 6 10 13 1 14 0.01 6.0 37 0.01
KL38-05 701.7 704.7 0.54 5400 0.17 2.3 140 16 9 14 1 14 0.2 6.8 44 0.01
KL38-05 704.7 706 0.434 4340 0.19 2.6 173 23 7 40 4 11 0.4 4.5 38 0.01
KL38-05 706 709 0.25 2500 0.11 3.7 112 59 8 19 18 5 0.5 10.8 35 0.01
KL38-05 709 712.4 0.259 2590 0.11 2 62 15 16 24 1 5 0.3 5.5 40 0.01
KL38-05 712.4 714.5 0.231 2310 0.09 1 52 7 7 82 0.01 8 0.3 3.3 103 0.01
KL38-05 714.5 717.4 1.68 16800 0.56 3.6 163 17 11 470 0.01 36 0.2 20.5 63 0.01
KL38-05 717.4 720 0.164 1640 0.04 0.1 39 9 7 115 1 5 0.4 6.3 30 0.01
KL38-05 720 722.4 0.46 4600 0.17 3.4 122 20 11 89 2 8 0.5 5.3 50 0.24
KL38-05 722.4 725.5 0.0291 291 0.01 0.1 37 7 9 17 0.01 1 0.2 1.0 12 0.11
KL38-05 725.5 728.6 0.182 1820 0.05 0.7 69 30 25 102 0.01 6 0.3 7.3 119 0.27
KL38-05 728.6 731.7 0.163 1630 0.05 0.6 64 8 18 129 0.01 5 0.8 3.8 171 0.35
KL38-05 731.7 734.7 0.276 2760 0.1 1.2 120 31 17 63 0.01 7 0.2 7.0 123 0.26
KL38-05 734.7 737.7 0.55 5500 0.18 1.9 102 34 24 80 3 17 0.6 13.4 62 0.01
KL38-05 737.7 740.7 0.221 2210 0.07 1.1 32 8 6 46 0.01 7 0.2 4.5 69 0.01
KL38-05 740.7 743.7 0.433 4330 0.15 1.9 68 39 4 26 2 8 0.8 10.5 33 0.01
KL38-05 743.7 746.7 0.162 1620 0.04 0.6 27 6 3 24 1 6 0.5 4.8 28 0.01
KL38-05 746.7 749.7 0.107 1070 0.04 0.1 22 5 2 29 0.01 7 0.2 6.5 29 0.01
KL38-05 749.7 752.7 0.091 910 0.02 0.1 25 6 4 148 0.01 3 0.2 2.8 42 0.01
KL38-05 752.7 755.7 1 10000 0.41 1.4 83 6 2 90 0.01 11 0.2 7.5 20 0.01
KL38-05 755.7 758.7 1.23 12300 0.36 2.7 111 22 1 58 0.01 18 1.3 11.0 31 0.01
KL38-05 758.7 760.8 0.129 1290 0.05 0.1 29 10 1 98 0.01 5 0.7 2.5 20 0.01
KL38-05 760.8 762.6 0.121 1210 0.04 0.1 22 1 1 24 0.01 4 0.2 3.3 10 0.01
KL38-05 762.6 764.7 0.85 8500 0.31 2.5 90 6 2 129 0.01 50 0.4 18.0 43 0.01
KL38-05 764.7 767.7 2.15 21500 0.64 5.7 100 6 2 248 0.01 67 0.3 31.0 53 0.01
KL38-05 767.7 770.7 0.84 8400 0.32 2.3 78 5 3 127 0.01 28 0.01 21.3 37 0.01
KL38-05 770.7 773.7 0.98 9800 0.44 2.2 98 6 2 28 0.01 18 0.6 8.5 54 0.01
KL38-05 773.7 775.7 1.16 11600 0.59 3.2 112 22 3 74 0.01 31 0.8 20.0 46 0.01
KL38-05 775.7 778.4 2.34 23400 1.8 5.2 206 9 0.01 24 0.01 51 1.1 18.0 30 0.01
KL38-05 778.4 780.8 0.375 3750 0.16 1.1 93 8 9 48 0.01 17 2.5 9.5 36 0.01
KL38-05 780.8 782.7 1.04 10400 0.6 4 150 14 9 8 1 15 0.7 14.8 27 0.01
KL38-05 782.7 785.7 0.54 5400 0.25 2.2 142 11 7 46 0.01 29 0.7 24.2 30 0.01
KL38-05 785.7 788.7 0.489 4890 0.24 2.3 152 8 12 174 1 12 0.8 12.8 35 0.01
KL38-05 788.7 791.7 0.66 6600 0.35 3.6 164 10 13 33 0.01 26 4 9.8 48 0.01
KL38-05 791.7 794.7 0.59 5900 0.37 2.9 116 9 8 149 1 32 0.4 21.0 52 0.01
KL38-05 794.7 797.8 0.97 9700 0.57 4.8 182 8 10 50 1 36 0.01 17.9 40 0.01
KL38-05 797.8 800.9 0.39 3900 0.21 2.3 188 11 15 10 1 11 0.7 12.0 37 0.01
KL38-05 800.9 803.9 0.54 5400 0.32 4.7 401 11 10 8 1 10 0.4 8.5 28 0.01
KL38-05 803.9 806.9 0.498 4980 0.28 3.2 600 44 6 14 1 10 0.7 6.0 20 0.01
KL38-05 806.9 809.7 0.83 8300 0.55 4.6 500 22 16 27 1 12 1.2 9.5 18 0.01
KL38-05 809.7 812.7 0.121 1210 0.11 1.1 177 17 8 6 1 5 0.01 3.8 10 0.01
KL38-05 812.7 815.7 0.128 1280 0.1 1.4 153 17 4 9 0.01 3 0.01 3.3 8 0.01
KL38-05 815.7 818.7 0.7 7000 0.44 3.5 223 12 13 24 1 14 0.01 9.9 26 0.01
KL38-05 818.7 821.7 0.8 8000 0.45 3.8 305 8 14 11 1 12 0.01 7.0 19 0.01



Appendix V - 306 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL38-05 821.7 824.7 1.15 11500 0.51 5 280 7 7 300 1 38 0.01 13.6 21 0.01
KL38-05 824.7 827.8 0.396 3960 0.22 2.6 271 13 7 30 1 12 0.3 5.0 16 0.01
KL38-05 827.8 830.8 0.156 1560 0.08 0.7 250 37 8 35 4 4 0.4 4.8 18 0.01
KL38-05 830.8 833.9 0.22 2200 0.1 0.8 195 17 9 7 2 6 0.01 4.1 16 0.01
KL38-05 833.9 837 0.512 5120 0.33 2.8 400 18 5 4 8 9 0.01 8.4 30 0.01
KL38-05 837 840 0.329 3290 0.13 2.8 295 28 15 8 14 7 0.01 3.9 20 0.01
KL38-05 840 843 0.498 4980 0.3 2.3 238 20 8 8 2 14 0.01 8.0 28 0.01
KL38-05 843 846.1 0.521 5210 0.32 2.5 356 23 15 24 1 12 0.01 7.0 29 0.01
KL38-05 846.1 849.5 0.536 5360 0.27 3 300 20 18 18 1 10 0.4 6.0 21 0.01
KL38-05 849.5 851.7 0.309 3090 0.17 2.4 1680 1340 23 16 1 4 0.3 3.8 16 0.01
KL38-05 851.7 853.7 0.135 1350 0.07 0.8 188 29 10 12 0.01 3 0.01 2.3 15 0.01
KL38-05 853.7 856.9 0.209 2090 0.1 1.2 221 47 10 14 1 4 1.3 4.8 20 0.01
KL38-05 856.9 859.9 0.22 2200 0.15 1.8 140 12 8 10 1 3 0.01 2.3 15 0.01
KL38-05 859.9 862.2 0.26 2600 0.16 1.3 152 37 21 12 1 4 0.01 2.6 16 0.01
KL38-05 862.2 865.3 0.25 2500 0.13 1.8 126 16 4 15 1 5 0.01 3.3 20 0.01
KL38-05 865.3 868.7 0.059 590 0.03 0.1 117 18 3 6 0.01 4 0.01 1.4 17 0.01
KL38-05 868.7 870.5 0.068 680 0.04 0.6 85 48 3 23 3 2 0.01 2.3 14 0.01
KL38-05 870.5 873.4 0.131 1310 0.21 1.4 127 25 4 11 4 3 0.01 3.5 15 0.01
KL38-05 873.4 876.4 0.127 1270 0.15 1 108 22 4 20 3 4 0.01 2.0 18 0.01
KL38-05 876.4 880.4 0.453 4530 0.74 4 295 14 10 57 5 8 0.01 4.4 22 0.01
KL38-05 880.4 883.5 0.16 1600 0.2 1.5 135 18 8 44 28 3 0.01 5.8 17 0.01
KL38-05 883.5 886.7 0.059 590 0.06 0.6 68 15 7 36 14 3 0.01 3.3 13 0.01
KL38-05 886.7 890.4 0.123 1230 0.17 0.9 98 14 6 129 6 2 0.01 3.5 10 0.01
KL38-05 890.4 893.7 0.449 4490 0.52 4 245 41 30 870 18 9 0.3 11.7 29 0.01
KL38-05 893.7 896.7 0.057 570 0.18 0.1 32 11 15 277 6 4 0.3 1.9 10 0.01
KL38-05 896.7 899.7 0.0081 81 0.02 0.1 37 15 18 41 0.01 4 0.4 0.0 18 0.01
KL38-05 899.7 902.7 0.26 2600 0.08 1.8 65 10 6 47 5 4 0.3 2.0 8 0.01
KL38-05 902.7 905.7 0.22 2200 0.12 1.3 36 11 11 200 7 5 0.01 1.5 10 0.01
KL38-05 905.7 908.7 0.24 2400 0.25 1.1 26 11 14 135 4 9 0.3 2.4 10 0.01
KL38-05 908.7 911.7 0.25 2500 0.36 1.6 90 10 11 570 5 10 0.5 2.3 16 0.01
KL38-05 911.7 914.7 0.14 1400 0.15 1.4 35 9 11 56 2 7 0.5 2.0 10 0.01
KL38-05 914.7 917.7 0.453 4530 0.89 3.2 201 13 10 47 3 22 0.3 4.8 20 0.01
KL38-05 917.7 920.7 1.75 17500 3.63 11 940 12 15 16 2 84 0.01 14.0 28 0.01
KL38-05 920.7 923.7 0.173 1730 0.24 1.1 80 7 9 261 2 6 0.3 2.1 10 0.01
KL38-05 923.7 926.7 0.063 630 0.17 0.1 430 14 21 28 5 10 0.3 2.1 12 0.01
KL38-05 926.7 929.3 0.0157 157 0.02 0.1 1050 11 18 7 3 3 0.01 0.8 17 0.01
KL38-05 929.3 931 0.0072 72 0.01 0.1 24 10 12 8 3 1 0.01 0.0 19 0.01
KL38-05 931 933.2 0.0145 145 0.03 0.1 81 13 12 7 0.01 1 0.3 1.0 12 0.01
KL38-05 933.2 935.7 0.0147 147 0.06 0.1 101 11 13 10 2 1 0.01 0.9 16 0.01
KL38-05 935.7 938.2 0.089 890 0.11 0.1 84 13 8 80 4 2 0.3 2.0 12 0.01
KL38-05 938.2 941.7 0.083 830 0.09 0.1 76 12 10 20 5 2 0.01 2.3 16 0.01
KL38-05 941.7 944.7 0.0059 59 0.01 0.1 80 9 6 7 0.01 1 0.01 0.0 20 0.01
KL38-05 944.7 947.7 0.0038 38 0.01 0.1 11 11 6 4 1 1 0.01 0.0 12 0.01
KL38-05 947.7 950.7 0.0059 59 0.01 0.1 47 42 10 4 3 1 0.01 0.0 17 0.01
KL38-05 950.7 953.7 0.0152 152 0.02 0.1 28 11 9 6 4 1 0.01 1.4 16 0.01
KL38-05 953.7 957 0.0101 101 0.02 0.1 66 13 8 4 1 1 0.01 0.9 14 0.01
KL38-05 957 961 0.151 1510 0.4 2 164 12 13 87 36 5 0.01 2.0 16 0.01
KL38-05 961 964 0.071 710 0.13 0.9 123 9 11 15 6 5 0.01 2.3 22 0.01
KL38-05 964 969.4 0.023 230 0.04 0.1 30 12 6 7 5 2 0.01 1.2 17 0.01
KL38-05 969.4 973.8 0.0296 296 0.06 0.1 111 25 19 25 16 2 0.01 2.8 16 0.01
KL38-05 973.8 975.7 0.071 710 0.15 0.8 440 16 21 114 47 3 0.01 2.8 14 0.01
KL38-05 975.7 978.8 0.0252 252 0.04 0.1 41 12 15 16 4 1 0.01 1.5 12 0.01
KL38-05 978.8 981.9 0.059 590 0.03 0.5 85 17 23 6 6 1 0.01 1.6 10 0.01
KL38-05 981.9 985.2 0.0118 118 0.02 0.1 40 54 37 10 32 3 0.01 5.9 12 0.01
KL38-05 985.2 988.2 0.074 740 0.13 1.3 392 91 8 64 4 10 0.01 2.8 8 0.01
KL38-05 988.2 990.5 0.0242 242 0.02 0.1 101 19 23 13 5 2 0.01 1.4 6 0.01
KL38-05 990.5 993.5 0.0061 61 0.01 0.1 68 17 10 15 6 4 0.01 1.4 10 0.01
KL38-05 993.5 996.6 0.0061 61 0.01 0.1 71 15 11 12 5 3 0.01 1.1 6 0.01
KL38-05 996.6 999.7 0.0039 39 0.01 0.1 30 17 9 6 2 1 0.01 1.0 5 0.01
KL38-05 999.7 1001.7 0.0036 36 0.01 0.1 133 25 8 4 1 1 0.01 0.8 7 0.01
KL38-05 1001.7 1004.7 0.008 80 0.01 0.1 104 23 8 5 1 1 0.01 0.7 7 0.01
KL38-05 1004.7 1007.7 0.0148 148 0.01 0.1 71 20 16 7 2 1 0.01 0.7 10 0.01
KL38-05 1007.7 1010.7 0.0081 81 0.01 0.1 35 14 7 6 3 1 0.01 2.1 8 0.01



Appendix V - 307 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL38-05 1010.7 1013.7 0.0032 32 0.01 0.1 24 9 5 7 2 1 0.01 1.0 13 0.01
KL38-05 1013.7 1016.7 0.0031 31 0.01 0.1 25 22 5 5 2 1 0.01 0.5 6 0.01
KL38-05 1016.7 1019.7 0.0036 36 0.01 0.1 62 25 12 7 2 1 0.01 2.1 7 0.01
KL38-05 1019.7 1022.7 0.0181 181 0.02 0.1 111 67 30 20 3 4 0.4 3.3 11 0.01
KL38-05 1022.7 1025.7 0.0226 226 0.02 0.1 110 39 19 18 3 4 0.5 1.3 7 0.01
KL38-05 1025.7 1028.7 0.047 470 0.07 0.1 115 31 21 13 2 3 0.3 1.6 12 0.01
KL38-05 1028.7 1031.7 0.049 490 0.05 0.1 110 30 28 17 2 3 0.01 1.2 10 0.01
KL38-06 0 4.5 0.0087 87 0.62 0.7 560 161 26 3 0.01 1 1 0.8 20 0.01
KL38-06 4.5 13.6 0.0134 134 0.24 0.5 320 106 33 3 0.01 1 0.6 0.8 19 0.01
KL38-06 13.6 18 0.0027 27 0.01 0.1 141 105 20 2 0.01 1 0.5 0.7 21 0.01
KL38-06 18 21 0.0202 202 0.06 0.6 540 178 10 1 0.01 1 1.2 0.5 22 0.01
KL38-06 21 24 0.0082 82 0.01 0.5 460 171 10 1 0.01 2 0.8 0.0 27 0.01
KL38-06 24 27 0.0112 112 0.01 0.1 327 119 9 1 0.01 1 0.9 0.8 26 0.01
KL38-06 27 30 0.0061 61 0.08 0.9 1490 550 11 1 0.01 1 2.7 0.7 30 0.01
KL38-06 30 33.4 0.0073 73 0.08 0.1 420 169 22 13 2 4 2.2 1.6 28 0.01
KL38-06 33.4 35.2 0.0082 82 0.01 0.7 232 236 12 5 0.01 1 1.2 0.9 25 0.01
KL38-06 35.2 38.2 0.0223 223 0.04 0.7 420 193 15 3 0.01 2 1.4 0.9 23 0.01
KL38-06 38.2 41.5 0.0105 105 0.12 0.5 1260 540 13 4 0.01 1 3.4 1.4 17 0.01
KL38-06 41.5 44.6 0.007 70 0.1 0.6 1120 376 11 4 0.01 1 2.4 1.3 19 0.01
KL38-06 44.6 47.7 0.0039 39 0.04 0.5 800 246 12 5 0.01 2 1.6 1.3 22 0.01
KL38-06 47.7 50.7 0.0032 32 0.06 0.1 760 281 8 2 0.01 1 1.5 1.0 16 0.01
KL38-06 50.7 54 0.0044 44 0.3 0.7 2480 590 27 3 0.01 1 3.5 1.6 20 0.15
KL38-06 54 57 0.0019 19 0.1 0.1 1200 324 12 3 0.01 1 2.2 1.4 19 0.11
KL38-06 57 60.2 0.0014 14 0.02 0.1 720 242 6 2 0.01 1 1.5 1.9 18 0.1
KL38-06 60.2 63.2 0.001 10 0.01 0.1 91 30 5 3 0.01 1 0.6 0.9 20 0.01
KL38-06 63.2 66.2 0.0011 11 0.01 0.1 223 63 2 1 0.01 1 0.9 0.8 15 0.01
KL38-06 66.2 69.2 0.0014 14 0.04 0.1 114 34 18 2 0.01 1 0.8 0.9 25 0.01
KL38-06 69.2 72.2 0.058 580 0.57 31.2 19400 11000 350 3 2 1 130 15.6 28 1.98
KL38-06 72.2 75.2 0.0048 48 0.24 0.1 287 102 12 2 0.01 3 1.5 1.9 20 0.18
KL38-06 75.2 78.2 0.0031 31 0.04 0.1 367 109 32 6 3 3 2.1 1.4 30 0.13
KL38-06 78.2 82.1 0.0015 15 0.02 0.1 143 57 16 1 0.01 1 0.8 1.1 20 0.01
KL38-06 82.1 84 0.0084 84 0.02 0.1 460 164 17 5 0.01 1 1.3 1.5 21 0.14
KL38-06 84 87 0.0375 375 0.06 0.1 381 147 160 1 4 4 5.1 2.2 25 0.19
KL38-06 87 90 0.0097 97 0.22 0.7 510 223 150 31 7 4 6.1 3.4 68 0.17
KL38-06 90 93 0.0323 323 0.23 1.6 2760 640 140 233 10 4 4.1 3.6 38 0.21
KL38-06 93 96 0.04 400 0.06 0.8 1460 342 140 38 22 3 5.8 2.2 35 0.2
KL38-06 96 98.9 0.016 160 0.14 0.9 780 306 150 39 35 1 6.7 12.3 108 0.13
KL38-06 98.9 102 0.0084 84 0.27 1.5 480 236 120 174 47 2 6.6 35.5 63 0.01
KL38-06 102 104.7 0.012 120 0.1 0.1 910 171 77 208 3 6 3.5 3.0 104 0.01
KL38-06 104.7 107.2 0.0229 229 0.08 0.1 610 134 52 40 5 4 4 1.6 43 0.01
KL38-06 107.2 110.8 0.0261 261 0.4 0.5 980 242 71 96 11 5 2.9 2.0 27 0.13
KL38-06 110.8 114.8 0.0029 29 0.32 0.1 2000 261 140 406 0.01 1 2.6 1.9 199 0.01
KL38-06 114.8 117.2 0.013 130 0.05 0.1 730 120 23 45 4 4 2.5 1.1 36 0.01
KL38-06 117.2 119.6 0.0092 92 0.19 0.1 2600 366 130 425 0.01 1 5.4 1.9 124 0.01
KL38-06 119.6 122.6 0.0046 46 0.23 0.6 3920 1020 210 363 1 1 7.8 2.3 187 0.01
KL38-06 122.6 125 0.06 600 0.2 0.1 3780 630 140 505 4 1 5.5 2.9 136 0.01
KL38-06 125 128.1 0.058 580 0.15 0.7 1700 275 130 247 0.01 1 4.7 1.7 39 0.01
KL38-06 128.1 130.5 0.146 1460 0.73 3.2 3630 510 630 510 9 10 44 9.0 100 0.2
KL38-06 130.5 134.7 0.0276 276 0.12 1.3 1580 254 51 120 11 1 5.3 4.0 43 0.17
KL38-06 134.7 137.6 0.0157 157 0.22 2 2920 900 55 115 11 4 4.5 3.2 41 0.24
KL38-06 137.6 140.3 0.0042 42 0.01 0.1 287 85 12 36 8 2 0.8 3.4 20 0.01
KL38-06 140.3 144.2 0.0041 41 0.01 0.1 271 72 13 27 7 3 2.3 1.9 16 0.01
KL38-06 144.2 147.2 0.0035 35 0.06 0.1 960 113 21 12 6 1 1.9 1.3 20 0.14
KL38-06 147.2 150 0.0125 125 0.05 0.1 520 62 29 18 6 6 1.3 1.5 20 0.01
KL38-06 150 153 0.015 150 0.03 0.1 500 91 43 25 4 8 3.7 2.1 19 0.01
KL38-06 153 156.3 0.0068 68 0.02 0.1 385 54 20 23 4 7 1.2 1.1 18 0.01
KL38-06 156.3 159 0.0067 67 0.04 0.1 590 71 21 18 5 4 1.3 0.8 19 0.01
KL38-06 159 161 0.067 670 0.09 0.1 1460 95 200 55 11 27 2.9 2.3 20 0.01
KL38-06 161 163.1 0.0301 301 0.08 0.1 3640 284 73 21 2 25 2.4 2.2 19 0.01
KL38-06 163.1 165.5 0.0261 261 0.39 0.1 11900 108 160 1160 2 68 4.4 4.4 26 0.2
KL38-06 165.5 168.7 0.015 150 0.35 0.1 460 47 44 720 4 5 3.2 1.5 25 0.01
KL38-06 168.7 172.8 0.042 420 0.24 2 1540 440 160 172 9 5 40 6.3 21 0.01
KL38-06 172.8 176.2 0.0107 107 0.08 0.6 850 128 18 52 7 2 7.4 2.1 13 0.01



Appendix V - 308 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL38-06 176.2 180.2 0.0291 291 0.08 0.6 820 162 85 70 9 2 3.3 1.8 11 0.01
KL38-06 180.2 184.5 0.187 1870 0.16 3.2 1700 460 650 349 5 8 16.3 4.0 13 0.2
KL38-06 184.5 187.4 0.0229 229 0.06 0.6 1050 243 42 30 1 1 3.4 1.4 10 0.01
KL38-06 187.4 192.2 0.0112 112 0.08 0.1 710 640 31 44 1 1 2.4 1.3 13 0.01
KL38-06 192.2 195.3 0.0078 78 0.11 0.1 570 185 18 24 1 1 0.7 1.1 12 0.01
KL38-06 195.3 198 0.0225 225 0.06 0.1 1150 71 41 16 0.01 4 1.3 0.9 10 0.01
KL38-06 198 201 0.0382 382 0.06 0.7 1400 208 110 18 1 4 2.9 1.2 11 0.01
KL38-06 201 204 0.0148 148 0.05 0.1 720 123 21 19 0.01 3 1.1 0.8 9 0.01
KL38-06 204 207.5 0.0077 77 0.05 0.1 162 96 12 10 1 2 0.6 1.3 16 0.01
KL38-06 207.5 210.9 0.009 90 0.06 2.4 1500 1170 23 7 4 1 1.9 2.3 13 0.1
KL38-06 210.9 213.9 0.0316 316 0.05 1.2 520 348 24 8 1 3 2.3 1.0 12 0.1
KL38-06 213.9 219.1 0.242 2420 0.1 2.4 510 225 100 9 2 10 8.2 3.8 13 0.01
KL38-06 219.1 222.2 0.045 450 0.05 1.2 830 520 25 10 0.01 4 1.6 2.0 9 0.01
KL38-06 222.2 225.2 0.35 3500 0.15 13.9 11500 9600 36 28 5 13 12.8 7.5 14 0.01
KL38-06 225.2 228.2 0.524 5240 1.11 6.3 2900 740 350 131 4 26 20 6.0 13 0.01
KL38-06 228.2 231.2 1.05 10500 1.45 7.8 1600 540 160 35 2 42 7.2 9.5 14 0.01
KL38-06 231.2 234.2 0.536 5360 0.81 4 1000 142 73 8 2 27 3.2 5.0 12 0.01
KL38-06 234.2 237.2 0.0407 407 0.15 1 540 305 28 13 0.01 4 1.7 2.6 14 0.1
KL38-06 237.2 240 0.213 2130 0.18 1.2 1760 73 30 17 1 6 1.2 5.3 19 0.01
KL38-06 240 243 0.72 7200 0.67 3.9 2900 1030 200 10 2 28 7.1 8.5 17 0.1
KL38-06 243 246 0.0153 153 0.08 1.7 1160 1170 34 20 3 1 2 5.5 13 0.1
KL38-06 246 249 0.184 1840 0.23 2.5 2400 620 110 13 5 8 3.8 5.3 15 0.01
KL38-06 249 252.2 0.0218 218 0.09 1.8 1260 690 23 14 3 4 1.1 3.3 12 0.01
KL38-06 252.2 256.7 0.013 130 0.1 1.2 480 290 21 7 2 4 0.8 2.8 15 0.01
KL38-06 256.7 259.7 0.231 2310 0.18 1.7 400 128 68 9 5 5 2.8 5.1 20 0.1
KL38-06 259.7 263.8 0.89 8900 0.91 4.2 730 132 58 6 2 36 13.3 5.5 32 0.01
KL38-06 263.8 266.7 0.331 3310 0.58 2.1 770 115 41 20 1 13 6.3 3.8 21 0.01
KL38-06 266.7 268.7 0.0372 372 0.05 0.8 301 63 13 9 4 3 1 1.8 13 0.01
KL38-06 268.7 271.7 1.1 11000 0.48 2.4 500 168 50 14 3 27 8.4 3.7 27 0.01
KL38-06 271.7 275.7 0.124 1240 0.06 0.7 142 45 26 181 1 14 2.5 1.0 22 0.01
KL38-06 275.7 278.7 0.104 1040 0.11 1 76 55 47 2330 0.01 9 2.7 4.8 85 0.01
KL38-06 278.7 282.2 0.098 980 0.12 0.8 56 54 36 470 0.01 9 2.4 2.0 92 0.01
KL38-06 282.2 285.2 0.0372 372 0.14 0.6 61 47 42 1170 0.01 6 2.2 2.5 54 0.01
KL38-06 285.2 287.5 0.117 1170 0.07 0.9 58 28 15 36 1 6 1.9 1.5 21 0.01
KL38-06 287.5 290.6 0.092 920 0.07 1.4 72 44 30 107 4 6 2.5 1.3 32 0.01
KL38-06 290.6 292.3 0.73 7300 0.21 4.3 85 73 50 1150 3 15 3.4 4.5 36 0.01
KL38-06 292.3 294.9 1.68 16800 0.48 5.6 1070 97 6 54 30 38 3 7.0 18 0.01
KL38-06 294.9 296.7 0.73 7300 0.52 2.1 200 143 21 14 1 22 1.5 3.8 21 0.01
KL38-06 296.7 299.1 0.78 7800 0.39 3 650 358 34 42 1 32 1.6 3.3 22 0.01
KL38-06 299.1 302.2 0.6 6000 0.24 2.4 410 80 3 28 3 35 2 3.3 23 0.01
KL38-06 302.2 304.1 1.21 12100 0.57 5.8 329 68 33 8 1 41 4 8.3 21 0.01
KL38-06 304.1 306 0.148 1480 0.16 4.8 820 530 61 21 19 11 6.4 5.5 69 0.01
KL38-06 306 310.2 0.317 3170 0.4 4.4 235 146 70 27 14 32 5.2 5.5 26 0.01
KL38-06 310.2 315.2 0.344 3440 0.43 4 286 117 160 7 7 31 14.7 3.3 24 0.01
KL38-06 315.2 318.2 0.282 2820 0.29 4 85 95 150 3 10 34 4.2 5.5 22 0.01
KL38-06 318.2 321.2 0.533 5330 0.3 6.5 400 376 84 4 6 29 6.6 3.3 27 0.01
KL38-06 321.2 323.9 0.91 9100 0.72 3.4 271 120 55 12 3 66 5.3 12.5 21 0.01
KL38-06 323.9 326.5 0.203 2030 0.57 2.6 430 320 170 5 6 39 4 5.3 22 0.1
KL38-06 326.5 329.6 1.49 14900 0.96 16.4 177 142 32 23 7 82 2.8 22.2 34 0.01
KL38-06 329.6 332.7 0.82 8200 0.28 7.8 212 43 24 57 2 18 2.2 1.7 18 0.1
KL38-06 332.7 336.1 0.329 3290 0.63 6.1 2450 750 130 160 28 14 12.3 7.3 67 0.15
KL38-06 336.1 339 0.116 1160 0.79 7.3 3450 2860 170 192 40 7 37 7.5 58 0.46
KL38-06 339 341.5 1.52 15200 0.72 18.9 8500 6000 1980 25 5 64 13.2 8.5 38 0.1
KL38-06 341.5 343.5 0.282 2820 0.27 4.1 3760 2610 420 21 6 22 4.2 7.3 21 0.1
KL38-06 343.5 346.6 0.26 2600 0.47 6.5 5600 4800 320 28 26 1 4.5 15.9 23 0.01
KL38-06 346.6 348 2.88 28800 0.68 7.9 450 80 21 580 3 40 3.5 6.0 26 0.01
KL38-06 348 351 2.21 22100 0.44 4.6 358 98 10 2400 6 38 3.3 1.5 18 0.1
KL38-06 351 354 1.88 18800 1.02 4.7 700 390 6 770 19 35 2.1 1.0 24 0.01
KL38-06 354 357 2.73 27300 1.72 6.9 4000 4000 9 14 8 40 3.8 10.0 32 0.01
KL38-06 357 360 2.01 20100 2.39 4.3 950 2100 4 22 8 28 3.9 8.5 23 0.1
KL38-06 360 363 2.85 28500 3.18 7.3 1000 720 5 51 12 34 2.8 8.0 21 0.01
KL38-06 363 366 3.4 34000 4.18 9.6 1490 440 42 6 5 49 24.2 20.0 89 0.1
KL38-06 366 368.8 3.15 31500 1.36 14.6 3400 2100 470 13 5 45 46 24.5 106 0.1



Appendix V - 309 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL38-06 368.8 372.2 1.2 12000 0.27 5.6 227 124 21 42 2 14 0.8 15.0 60 0.01
KL38-06 372.2 375.2 0.79 7900 0.2 3 113 75 27 64 3 12 1.4 14.0 83 0.38
KL38-06 375.2 378.2 1.02 10200 0.15 2.6 188 67 9 79 2 7 0.9 15.5 76 0.15
KL38-06 378.2 381 0.61 6100 0.13 2.6 85 49 14 115 4 13 0.7 17.3 54 0.11
KL38-06 381 385.85 0.72 7200 0.18 2.3 67 41 13 25 7 10 0.8 16.0 77 0.1
KL38-06 385.85 387 0.67 6700 0.22 2.2 66 35 40 13 10 14 5 13.8 50 0.13
KL38-06 387 390 0.89 8900 0.21 2.7 70 45 15 76 7 11 0.9 14.0 74 0.1
KL38-06 390 393 1.11 11100 0.17 2.9 80 56 18 24 5 11 0.8 25.5 86 0.17
KL38-06 393 396 0.59 5900 0.16 6.9 123 54 13 132 37 9 0.7 9.8 75 0.01
KL38-06 396 399 0.496 4960 0.13 3.9 58 47 12 24 40 8 0.6 11.0 97 0.01
KL38-06 399 402 0.456 4560 0.21 2 46 54 11 18 10 11 0.6 8.5 96 0.01
KL38-06 402 405 1.12 11200 0.2 6.9 387 113 1440 16 6 12 5.6 24.0 54 0.11
KL38-06 405 408 0.514 5140 0.3 16.8 200 61 790 200 5 12 6.7 7.5 121 0.1
KL38-06 408 411.2 0.193 1930 0.08 1.5 63 16 90 16 3 8 0.6 2.5 70 0.01
KL38-06 411.2 414.2 0.2 2000 0.16 1.2 55 16 7 26 1 7 0.4 2.0 63 0.01
KL38-06 414.2 417.2 0.247 2470 0.13 1.3 55 18 1 39 4 6 0.4 2.8 57 0.01
KL38-06 417.2 420.2 0.173 1730 0.08 1 54 23 5 75 1 6 0.5 2.3 50 0.01
KL38-06 420.2 423 0.24 2400 0.11 1.7 46 23 4 34 6 6 0.3 2.8 72 0.01
KL38-06 423 426.2 0.32 3200 0.13 2.1 60 20 6 29 4 8 0.6 4.2 76 0.01
KL38-06 426.2 429 0.7 7000 0.4 3.5 113 40 15 38 5 10 5 9.0 112 0.01
KL38-06 429 432 0.46 4600 0.17 2.2 40 18 11 224 9 9 0.5 8.6 102 0.01
KL38-06 432 435.4 0.202 2020 0.12 1.3 59 16 4 39 1 7 0.2 2.6 60 0.01
KL38-06 435.4 441 0.3 3000 0.18 2.4 115 55 28 43 2 11 0.7 6.6 78 0.01
KL38-06 441 444 0.29 2900 0.2 1 50 14 11 10 1 9 0.3 3.3 62 0.01
KL38-06 444 447.1 1.01 10100 0.38 4.6 44 26 6 14 2 11 0.8 6.6 72 0.01
KL38-06 447.1 450.5 1.54 15400 0.66 2.6 144 14 2 18 0.01 16 0.3 10.5 72 0.01
KL38-06 450.5 453.2 0.42 4200 0.09 1 108 39 6 47 0.01 1 0.4 4.4 258 0.01
KL38-06 453.2 456.2 0.32 3200 0.05 0.6 202 60 42 340 0.01 1 0.5 3.0 332 0.01
KL38-06 456.2 459.2 0.21 2100 0.05 0.1 92 32 40 850 0.01 1 0.6 3.7 240 0.01
KL38-06 459.2 462.2 0.25 2500 0.04 0.9 480 90 190 920 0.01 1 3.4 3.4 329 0.28
KL38-06 462.2 465.2 0.52 5200 0.09 0.7 51 22 8 115 0.01 5 0.5 4.6 150 0.15
KL38-06 465.2 468.2 0.33 3300 0.03 0.1 58 11 3 65 0.01 1 0.2 2.2 245 0.01
KL38-06 468.2 471 0.28 2800 0.01 0.1 152 26 8 160 0.01 1 0.3 2.1 231 0.01
KL38-06 471 474 0.332 3320 0.03 0.1 66 16 8 60 0.01 3 0.01 2.2 230 0.01
KL38-06 474 476.5 0.43 4300 0.02 0.1 44 12 3 241 0.01 4 0.01 2.9 281 0.01
KL38-06 476.5 478.9 0.66 6600 0.01 0.9 36 17 5 920 0.01 4 0.2 3.2 194 0.01
KL38-06 478.9 481.8 0.65 6500 0.06 1.1 148 52 140 168 0.01 1 1 3.2 216 0.16
KL38-06 481.8 486.2 0.59 5900 0.04 0.6 27 10 12 238 0.01 1 0.6 3.0 251 0.01
KL38-06 486.2 489.2 0.48 4800 0.03 0.6 201 41 22 72 0.01 2 0.2 2.4 203 0.01
KL38-06 489.2 492 0.402 4020 0.03 0.7 145 52 8 53 0.01 1 0.2 3.4 253 0.01
KL38-06 492 495 0.27 2700 0.07 0.5 225 86 13 34 0.01 4 0.5 3.0 187 0.01
KL38-06 495 497.3 0.28 2800 0.01 0.1 75 18 3 81 0.01 3 0.2 2.4 198 0.01
KL38-07 0 3.2 0.0047 47 0.14 0.1 148 34 13 3 0.01 1 0.3 0.8 19 0.01
KL38-07 3.2 6.2 0.004 40 0.12 0.9 180 34 29 4 0.01 1 0.2 0.7 16 0.01
KL38-07 6.2 12.2 0.0031 31 0.16 0.1 240 88 65 2 0.01 1 0.3 0.5 18 0.01
KL38-07 12.2 15.2 0.0038 38 0.23 0.1 670 178 26 3 0.01 1 1.2 2.1 22 0.01
KL38-07 15.2 18.2 0.0036 36 0.19 0.1 920 211 73 3 0.01 1 1.1 1.8 21 0.01
KL38-07 18.2 21.2 0.0027 27 0.07 0.1 303 106 15 5 0.01 1 0.5 2.4 15 0.01
KL38-07 21.2 24.2 0.0021 21 0.24 0.1 268 185 10 4 0.01 1 1.2 3.3 40 0.01
KL38-07 24.2 27.2 0.0082 82 0.04 0.1 184 75 7 4 0.01 1 0.01 1.0 32 0.01
KL38-07 27.2 30.2 0.001 10 0.01 0.1 73 30 3 3 0.01 1 0.01 0.0 23 0.01
KL38-07 30.2 33.2 0.006 60 0.01 0.1 160 103 10 3 0.01 1 0.2 0.8 25 0.01
KL38-07 33.2 36.2 0.0026 26 0.01 0.1 171 85 5 2 0.01 1 0.2 0.8 37 0.01
KL38-07 36.2 39.2 0.0048 48 0.06 0.1 420 302 44 6 0.01 1 2.9 1.0 26 0.01
KL38-07 39.2 42.2 0.0082 82 0.01 0.1 289 110 9 3 0.01 1 1.2 0.6 61 0.01
KL38-07 42.2 45.2 0.0105 105 0.03 0.1 460 151 9 6 0.01 1 0.8 1.3 45 0.01
KL38-07 45.2 48.2 0.0231 231 0.03 0.1 155 87 5 3 0.01 1 0.2 0.8 27 0.01
KL38-07 48.2 51.2 0.0076 76 0.01 0.1 83 24 7 5 0.01 1 0.2 0.8 43 0.01
KL38-07 51.2 54.2 0.0049 49 0.01 0.1 49 48 6 5 0.01 1 0.01 1.0 29 0.01
KL38-07 54.2 57.2 0.0096 96 0.02 0.1 101 39 7 4 0.01 1 0.01 2.0 17 0.01
KL38-07 57.2 60.2 0.0054 54 0.01 0.1 62 44 4 3 0.01 1 0.01 0.8 16 0.01
KL38-07 60.2 63.2 0.0028 28 0.07 1.1 920 1680 6 6 0.01 1 1.9 16.5 22 0.01
KL38-07 63.2 66.2 0.0027 27 0.01 0.1 78 36 5 9 0.01 1 0.3 1.2 27 0.01



Appendix V - 310 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL38-07 66.2 69.1 0.005 50 0.04 0.1 530 490 6 16 0.01 1 1.5 2.0 18 0.01
KL38-07 69.1 72.2 0.0102 102 0.03 1.3 2420 1460 8 10 0.01 1 3.7 3.8 18 0.01
KL38-07 72.2 75.2 0.0167 167 0.33 3.4 7800 4100 29 5 0.01 1 7.7 15.3 18 0.17
KL38-07 75.2 78.2 0.0032 32 0.05 0.1 760 620 7 2 0.01 1 1.7 2.3 20 0.01
KL38-07 78.2 81.2 0.0057 57 0.06 0.1 420 344 18 5 0.01 1 2 2.4 23 0.01
KL38-07 81.2 84.2 0.0021 21 0.07 0.1 620 490 6 1 0.01 1 1 1.5 23 0.1
KL38-07 84.2 87.2 0.0022 22 0.05 0.7 810 1050 7 5 0.01 1 1.9 6.3 22 0.1
KL38-07 87.2 90.2 0.0032 32 0.17 0.7 860 500 18 6 0.01 1 3.7 3.6 26 0.15
KL38-07 90.2 93.2 0.0026 26 0.06 0.1 104 72 9 3 0.01 1 1.1 1.2 23 0.01
KL38-07 93.2 96.2 0.004 40 0.08 0.1 187 110 14 5 0.01 1 1.8 2.5 21 0.01
KL38-07 96.2 100.8 0.0073 73 0.79 4.4 2430 2690 85 10 0.01 3 14.8 19.4 37 0.28
KL38-07 100.8 104.6 0.0098 98 0.34 1.4 740 610 41 18 1 4 3.8 10.8 46 0.16
KL38-07 104.6 107 0.0069 69 0.75 8.4 900 510 240 67 140 10 13.6 19.9 70 0.15
KL38-07 107 109.9 0.0047 47 0.2 0.6 1280 275 32 10 3 1 2.2 9.0 41 0.01
KL38-07 109.9 116 0.0047 47 0.13 1.5 1740 1470 28 5 2 3 3.1 7.5 28 0.27
KL38-07 116 120.2 0.0121 121 0.12 1.4 460 378 61 12 4 3 3.6 5.8 74 0.01
KL38-07 120.2 123.2 0.0231 231 0.16 0.9 690 830 120 8 2 3 5.7 5.3 93 0.01
KL38-07 123.2 126 0.0129 129 0.11 0.1 352 178 50 5 1 1 2.2 2.1 69 0.01
KL38-07 126 128.4 0.0243 243 0.09 0.1 530 175 62 12 0.01 4 5.3 2.1 85 0.01
KL38-07 128.4 131.2 1.43 14300 0.28 7.2 269 130 3200 440 5 13 370 13.5 301 0.28
KL38-07 131.2 135.2 1.87 18700 0.52 12.6 1330 410 2120 185 8 1 170 16.5 240 0.32
KL38-07 135.2 139.3 0.0387 387 0.25 1.3 3030 930 140 90 5 2 19.6 3.9 153 0.15
KL38-07 139.3 143.3 0.051 510 0.07 1.2 1100 324 170 28 2 1 12.6 2.0 93 0.01
KL38-07 143.3 147 0.0147 147 0.09 0.8 2760 800 40 30 1 1 7.8 2.2 55 0.1
KL38-07 147 150.2 0.0171 171 0.28 0.9 6300 1570 52 51 1 3 9.5 5.0 89 0.12
KL38-07 150.2 153.2 0.092 920 0.19 1 3960 1260 300 440 4 4 14.7 7.5 204 0.11
KL38-07 153.2 156.2 0.0275 275 0.12 0.6 1320 450 98 156 1 1 12.1 4.3 201 0.01
KL38-07 156.2 159.2 0.0133 133 0.17 0.9 3090 1030 87 171 1 3 4.5 7.5 214 0.01
KL38-07 159.2 162.2 0.0106 106 0.2 1 5170 1490 180 178 1 4 9.6 9.0 166 0.13
KL38-07 162.2 165.2 0.0196 196 0.19 1.1 4190 1380 81 650 1 5 8.1 14.3 163 0.19
KL38-07 165.2 168.2 0.044 440 0.23 1.3 5330 1670 240 770 1 6 9.3 13.0 182 0.01
KL38-07 168.2 171.2 0.043 430 0.15 0.9 2480 770 37 273 0.01 2 2.9 6.5 49 0.01
KL38-07 171.2 174.2 0.0313 313 0.17 0.5 2320 380 85 630 1 3 8.6 7.3 89 0.01
KL38-07 174.2 177.2 0.203 2030 0.21 0.9 3690 740 470 318 2 8 14.8 9.3 118 0.12
KL38-07 177.2 180.2 0.192 1920 0.23 2.4 7100 710 590 223 4 12 120 9.6 113 0.19
KL38-07 180.2 183.2 0.042 420 0.09 0.7 1710 369 150 550 1 5 11.5 5.3 79 0.18
KL38-07 183.2 186.2 1 10000 0.25 4.2 7200 1410 890 900 4 63 50 11.8 262 0.15
KL38-07 186.2 189.2 0.29 2900 0.19 4 15100 2200 900 86 6 15 120 11.8 54 0.25
KL38-07 189.2 192.2 0.7 7000 0.36 10.8 23600 5200 2050 219 8 45 80 16.8 91 0.42
KL38-07 192.2 194.6 0.052 520 0.08 2 3020 411 110 143 3 3 36 6.5 27 0.01
KL38-07 194.6 197.5 0.25 2500 0.17 2.4 15100 354 68 57 4 33 12.7 11.6 30 0.13
KL38-07 197.5 199.5 0.084 840 0.29 13.2 6400 6900 170 249 16 9 100 11.5 17 0.34
KL38-07 199.5 202.4 0.0102 102 0.13 2.3 4460 690 33 78 9 10 6.7 10.4 26 0.01
KL38-07 202.4 205.7 0.006 60 0.11 1.2 2710 375 14 41 7 6 3.7 11.0 22 0.01
KL38-07 205.7 208.7 0.0174 174 0.13 1.5 2310 430 35 25 18 7 3.4 7.0 24 0.01
KL38-07 208.7 210.9 0.0106 106 0.09 5.9 6800 3600 38 5 26 4 19.8 8.0 23 0.19
KL38-07 210.9 213.2 0.083 830 0.37 22 37600 6100 230 28 44 65 100 19.0 22 0.9
KL38-07 213.2 216.2 0.0045 45 0.05 1.9 2150 460 8 21 24 1 2.5 5.4 22 0.01
KL38-07 216.2 219.2 0.0121 121 0.06 1.8 1900 560 16 30 5 1 13.6 3.8 23 0.01
KL38-07 219.2 222.2 0.0157 157 0.1 4 5080 1410 30 37 4 9 11.3 6.8 18 0.12
KL38-07 222.2 225.2 0.0046 46 0.11 5.9 5230 2240 30 29 1 3 17.1 4.8 14 0.23
KL38-07 225.2 228.2 0.0042 42 0.03 2.1 2640 1850 14 8 1 1 3 5.5 10 0.01
KL38-07 228.2 231.2 0.0037 37 0.02 2 620 450 7 13 2 1 1 4.0 11 0.01
KL38-07 231.2 234.1 0.0033 33 0.01 0.6 172 114 2 13 1 1 0.2 0.9 10 0.01
KL38-07 234.1 237.7 0.0024 24 0.01 0.9 550 312 3 9 2 1 1.1 5.3 10 0.01
KL38-07 237.7 240.1 0.0074 74 0.01 0.5 123 156 1 6 0.01 1 0.01 1.8 12 0.01
KL38-07 240.1 243.2 0.0029 29 0.01 0.7 128 256 3 7 1 1 0.2 1.9 10 0.01
KL38-07 243.2 246.2 0.0015 15 0.01 0.1 72 50 0.01 3 0.01 1 0.01 0.7 8 0.01
KL38-07 246.2 250.1 0.0191 191 0.01 1.5 440 2510 10 7 1 1 4.8 2.0 12 0.01
KL38-07 250.1 253.3 0.0114 114 0.21 2.8 5390 1340 53 12 4 2 9.8 6.8 14 0.24
KL38-07 253.3 256.3 0.005 50 0.05 1.2 1540 520 8 2 2 1 1.8 3.8 12 0.01
KL38-07 256.3 259.2 0.096 960 0.02 1 1060 279 41 6 5 4 6.2 3.1 12 0.01
KL38-07 259.2 262.2 0.0113 113 0.03 3.1 3290 5000 14 4 1 3 3.4 6.2 12 0.01



Appendix V - 311 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL38-07 262.2 266.7 0.0054 54 0.07 3.1 490 1310 12 13 5 1 3.7 6.0 15 0.01
KL38-07 266.7 269.3 0.0053 53 0.03 1.5 309 251 21 15 12 1 1.3 3.0 14 0.01
KL38-07 269.3 271.9 0.0042 42 0.01 0.1 133 143 13 2 1 1 0.2 2.1 20 0.01
KL38-07 271.9 274.9 0.0043 43 0.01 1.1 251 220 6 6 2 1 0.7 2.6 18 0.01
KL38-07 274.9 277.2 0.0039 39 0.04 4.5 152 297 14 14 31 1 2.9 4.0 17 0.01
KL38-07 277.2 280.1 0.0206 206 0.04 3.1 460 810 47 20 5 1 12.8 7.3 20 0.01
KL38-07 280.1 283 0.0221 221 0.07 1.4 1210 312 110 8 2 1 3 5.3 15 0.01
KL38-07 283 286 0.77 7700 0.24 23.4 14400 18000 640 35 4 8 75 40.5 19 1
KL38-07 286 289.5 0.48 4800 0.36 410 43000 250000 1370 52 450 5 375 850.0 34 0.96
KL38-07 289.5 292.4 0.056 560 0.51 6.6 2840 1530 95 8 6 3 10.8 9.6 12 0.27
KL38-07 292.4 294.6 0.135 1350 0.04 1.1 800 350 76 14 20 2 8.3 6.1 16 0.1
KL38-07 294.6 296.8 0.0134 134 0.01 0.8 450 285 6 10 1 1 0.7 2.7 13 0.01
KL38-07 296.8 299.9 0.0114 114 0.01 1.5 345 357 17 6 1 1 3.6 3.2 14 0.01
KL38-07 299.9 303 0.05 500 0.01 1.7 1810 370 16 7 6 1 1.8 4.8 20 0.1
KL38-07 303 306 0.0094 94 0.01 0.1 349 301 6 10 1 1 0.6 3.3 15 0.01
KL38-07 306 309.3 0.08 800 0.15 3 470 110 14 12 0.01 2 1.6 13.0 20 0.01
KL38-07 309.3 312 0.35 3500 0.41 3.9 490 44 41 8 1 21 3.5 15.2 30 0.01
KL38-08 113.5 116.5 0.062 620 0.15 3.2 890 470 120 7 17 4 7.3 6.0 51 0.11
KL38-08 116.5 119.1 0.042 420 0.08 0.9 530 500 69 8 6 1 5.9 2.5 79 0.01
KL38-08 119.1 121.7 0.0131 131 0.12 0.8 500 570 71 10 2 2 4.7 3.3 94 0.1
KL38-08 121.7 124.1 0.0311 311 0.1 0.7 710 440 89 60 2 4 6.3 5.1 103 0.01
KL38-08 124.1 126 0.0247 247 0.15 0.8 890 328 74 72 2 5 6.1 4.0 83 0.01
KL38-08 126 128.9 1.95 19500 0.32 7.6 520 161 3700 360 10 17 450 15.0 213 0.51
KL38-08 128.9 133.1 1.17 11700 0.33 9.4 890 388 1880 291 16 2 212 15.3 192 0.39
KL38-08 133.1 136.1 0.058 580 0.29 2.1 4000 1140 130 128 5 1 42 5.0 105 0.18
KL38-08 136.1 139.6 0.64 6400 0.25 5.8 1470 490 1200 151 9 1 130 10.5 161 0.26
KL38-08 139.6 142.6 0.14 1400 0.13 1.5 4100 1030 420 194 2 2 59 4.8 176 0.13
KL38-08 142.6 145.1 0.0251 251 0.11 0.8 3400 980 73 35 2 2 18 5.2 178 0.14
KL38-08 145.1 148.1 0.0135 135 0.14 0.7 4000 1150 58 58 2 1 8.9 4.3 184 0.1
KL38-08 148.1 151.1 0.19 1900 0.17 1.1 5500 1300 730 342 2 5 34 7.4 171 0.12
KL38-08 151.1 154.1 0.025 250 0.09 0.1 1610 480 64 168 1 2 10.1 2.8 89 0.01
KL38-08 154.1 157.1 0.0155 155 0.12 0.7 2900 710 68 167 1 2 7.9 5.0 216 0.1
KL38-08 157.1 160.1 0.0273 273 0.3 1.4 7700 1660 150 259 2 3 26 8.5 162 0.19
KL38-08 160.1 164.6 0.0176 176 0.26 1.5 5300 1540 150 570 2 3 14 8.8 154 0.1
KL38-08 164.6 167.1 0.23 2300 0.32 2.3 6800 1760 720 730 6 8 24 12.8 86 0.14
KL38-08 167.1 169.1 0.0262 262 0.09 0.7 800 192 36 560 1 2 2.8 3.0 39 0.01
KL38-08 169.1 172.1 0.0273 273 0.08 0.8 890 299 64 920 3 3 4.2 5.0 48 0.01
KL38-08 172.1 175.3 0.23 2300 0.17 1 3500 930 610 620 2 7 19.5 8.0 113 0.12
KL38-08 175.3 178.1 0.112 1120 0.1 1.3 3100 550 370 39 3 10 48 5.5 109 0.1
KL38-08 178.1 181.6 0.0389 389 0.13 1 940 220 110 980 2 7 13.4 7.3 64 0.01
KL38-08 181.6 183.7 0.0239 239 0.11 1.3 1730 344 74 1700 2 12 10.5 6.8 118 0.01
KL38-08 183.7 186.7 0.128 1280 0.16 2.5 10000 2040 460 59 4 13 30 8.5 60 0.2
KL38-08 186.7 190.1 0.44 4400 0.16 5.9 18000 870 1100 128 4 45 90 11.0 51 0.43
KL38-08 190.1 193.1 0.32 3200 0.07 3 5000 680 660 190 6 16 45 6.0 29 0.12
KL38-08 193.1 196.4 0.23 2300 0.37 2.9 12700 291 100 91 8 30 6.1 14.0 31 0.1
KL38-08 196.4 199.7 0.0146 146 0.08 1.3 1050 182 30 95 6 6 6.5 4.3 24 0.01
KL38-08 199.7 202.7 0.0048 48 0.07 0.7 650 116 12 37 9 4 1.7 4.5 26 0.01
KL38-08 202.7 205.1 0.098 980 0.39 5.2 18600 1030 190 41 20 87 42 18.5 29 0.23
KL38-08 205.1 208.1 0.063 630 0.22 2.2 7400 430 71 120 14 33 15.5 17.1 37 0.11
KL38-08 208.1 210.8 0.0216 216 0.09 1.6 4300 640 30 30 10 8 14.9 5.3 27 0.1
KL38-08 210.8 214.1 0.065 650 0.16 4.7 17200 1420 120 14 12 74 43 10.0 31 0.24
KL38-08 214.1 216.8 0.041 410 0.36 9.7 13500 3800 130 74 4 3 60 6.3 26 0.3
KL38-08 216.8 219.8 0.0203 203 0.14 3.6 6600 1400 41 61 4 17 12.9 6.3 26 0.13
KL38-08 219.8 222.8 0.0235 235 0.07 1.6 3400 450 32 32 7 12 37 3.5 23 0.11
KL38-08 222.8 225.7 0.0042 42 0.04 1.7 1670 1340 10 10 2 1 1.3 4.0 16 0.01
KL38-08 225.7 228.8 0.0018 18 0.03 0.8 1900 750 23 10 1 1 5 2.8 13 0.01
KL38-08 228.8 231.4 0.002 20 0.03 1.4 980 323 16 14 2 1 2.1 2.8 12 0.01
KL38-08 231.4 234.3 0.0021 21 0.02 1.2 1880 620 9 13 1 1 2.7 2.5 11 0.01
KL38-08 234.3 237.8 0.0078 78 0.06 1.7 610 320 13 17 7 1 4.3 6.6 15 0.01
KL38-08 237.8 241.1 0.0051 51 0.02 0.7 242 132 6 9 1 1 1.6 2.3 14 0.01
KL38-08 241.1 244.1 0.0047 47 0.01 0.8 530 510 12 10 1 1 1 5.5 11 0.01
KL38-08 244.1 247.1 0.0171 171 0.09 1.2 1620 510 30 7 4 1 6.3 4.5 15 0.01
KL38-08 247.1 250.1 0.0042 42 0.04 0.6 910 480 13 8 1 2 1.4 3.3 15 0.01



Appendix V - 312 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL38-08 250.1 253.1 0.0071 71 0.03 0.8 237 226 16 9 1 1 3.8 1.3 13 0.01
KL38-08 253.1 256.1 0.0076 76 0.03 0.8 490 211 15 6 2 1 5.5 2.8 14 0.01
KL38-08 256.1 259.2 0.047 470 0.07 1.2 1100 336 59 16 2 5 9.3 4.3 13 0.01
KL38-08 259.2 262.6 0.0055 55 0.05 1.4 660 1050 12 3 3 3 4.9 4.8 14 0.01
KL38-08 262.6 265.1 0.0037 37 0.04 1.2 520 660 15 7 3 1 2.9 3.8 14 0.01
KL38-08 265.1 268.1 0.0091 91 0.04 1.5 660 318 24 15 10 3 2.7 5.8 15 0.1
KL38-08 268.1 270.9 0.0076 76 0.04 2.1 610 346 16 12 19 1 3.7 5.5 17 0.01
KL38-08 270.9 274 0.0285 285 0.05 1.7 540 272 60 9 8 1 36 4.8 17 0.01
KL38-08 274 277.1 0.0139 139 0.15 1.8 1120 670 45 15 6 2 24 9.1 19 0.01
KL38-08 277.1 280.1 0.26 2600 0.12 4.7 3300 1100 700 46 4 5 90 9.0 18 0.16
KL38-08 280.1 283.3 0.67 6700 0.21 131 74000 101000 510 32 5 9 148 130.0 71 0.75
KL38-08 283.3 286.1 0.72 7200 0.35 19 25400 27000 680 26 7 12 96 36.0 18 1.52
KL38-08 286.1 288.9 0.13 1300 0.67 17 15600 8100 160 17 23 4 66 49.0 36 0.96
KL38-08 288.9 292.1 0.069 690 0.08 1.1 810 224 32 5 2 4 1.4 4.2 20 0.01
KL38-08 292.1 295.1 0.046 460 0.05 0.8 730 184 43 9 3 2 7.8 3.3 16 0.1
KL38-08 295.1 298.1 0.084 840 0.05 1.6 4200 890 71 9 2 2 16 6.3 20 0.24
KL38-08 298.1 301.1 0.062 620 0.03 0.8 580 246 36 5 0.01 2 3.5 3.5 20 0.01
KL38-08 301.1 304.9 0.182 1820 0.09 1.4 830 194 56 13 0.01 7 5.7 4.5 19 0.11
KL38-08 304.9 307.1 0.116 1160 0.35 3.5 11200 2900 170 10 1 5 13.8 15.3 26 0.36
KL38-08 307.1 310.1 0.37 3700 0.42 2.8 420 71 70 11 0.01 7 4.1 7.5 26 0.01
KL38-08 310.1 313.1 0.31 3100 0.29 1.1 480 60 29 12 1 9 1.2 9.2 28 0.01
KL38-08 313.1 315.4 0.33 3300 0.23 2.1 1250 560 32 32 0.01 14 3.9 9.2 21 0.01
KL38-08 315.4 319.1 0.21 2100 0.17 2.6 840 560 58 276 4 11 5 11.0 75 0.01
KL38-08 319.1 321.7 0.34 3400 0.63 6 730 329 130 152 107 12 7 16.0 101 0.01
KL38-08 321.7 324 0.27 2700 0.16 1.3 105 27 16 450 1 8 1.7 5.2 90 0.01
KL38-08 324 326.6 0.24 2400 0.15 1.6 156 76 22 190 0.01 8 1.8 8.2 59 0.15
KL38-08 326.6 328.1 0.173 1730 0.07 0.6 107 45 23 158 0.01 3 1.4 2.5 20 0.01
KL38-08 328.1 331 0.28 2800 0.14 0.6 417 48 22 148 0.01 14 0.5 4.8 31 0.01
KL38-08 331 334.1 0.51 5100 0.26 1.2 700 41 21 28 1 26 1.7 5.0 28 0.01
KL38-08 334.1 337.1 0.88 8800 0.32 3.1 720 62 18 26 30 43 6.2 6.8 18 0.01
KL38-08 337.1 339.9 0.151 1510 0.05 0.7 345 29 11 38 1 20 1.3 4.2 19 0.01
KL38-08 339.9 343.1 0.63 6300 0.22 2.2 297 42 17 18 0.01 38 1.7 6.1 37 0.01
KL38-08 343.1 346.1 0.97 9700 0.36 2.5 354 81 15 32 0.01 17 1.8 4.0 19 0.01
KL38-08 346.1 350.7 0.45 4500 0.54 1.7 1160 203 26 23 0.01 22 4.1 6.5 28 0.01
KL38-08 350.7 355.1 0.4 4000 0.17 1 7900 68 15 21 1 30 1.7 6.5 26 0.01
KL38-08 355.1 358.1 0.54 5400 0.38 1.2 4650 83 37 13 0.01 37 3.7 6.2 26 0.01
KL38-08 358.1 361 0.18 1800 0.18 0.7 229 51 46 46 0.01 4 6.9 1.9 16 0.01
KL38-08 361 364.1 0.22 2200 0.18 0.6 1900 40 22 254 1 9 3.8 3.0 23 0.01
KL38-08 364.1 367.1 0.31 3100 0.28 1.3 147 67 31 152 5 4 4.5 3.2 23 0.01
KL38-08 367.1 370.1 0.48 4800 0.32 1.8 460 27 36 19 1 8 1.1 4.0 20 0.01
KL38-08 370.1 374.7 2.48 24800 0.27 5.7 373 24 19 12 2 52 4.5 3.0 21 0.01
KL38-08 374.7 377.7 0.195 1950 0.12 1 194 30 22 11 0.01 1 0.6 2.3 15 0.01
KL38-08 377.7 381.2 0.144 1440 0.09 0.8 169 33 24 14 0.01 1 0.7 0.7 16 0.01
KL38-08 381.2 384.5 0.073 730 0.07 0.5 195 40 31 8 0.01 1 0.8 0.6 19 0.01
KL38-08 384.5 387.5 0.074 740 0.07 0.6 1070 34 19 3 0.01 1 1 0.6 17 0.01
KL38-08 387.5 391 0.141 1410 0.14 0.9 420 62 18 2 0.01 1 1.2 1.2 14 0.01
KL38-08 391 394.1 1.09 10900 0.45 3.5 239 34 6 3 12 20 4.3 3.5 19 0.01
KL38-08 394.1 397.1 0.81 8100 0.25 1.5 318 9 1 12 3 30 2.5 1.8 22 0.01
KL38-08 397.1 400.1 1.46 14600 0.73 2.4 10200 11 3 16 5 159 4.5 5.0 28 0.01
KL38-08 400.1 403.1 2.25 22500 0.97 3.7 192 12 14 73 5 24 0.6 18.0 52 0.01
KL38-08 403.1 406.1 2.12 21200 1.25 5.7 379 11 0.01 9 9 53 1.2 5.5 33 0.01
KL38-08 406.1 409.1 3.51 35100 2.04 7.2 294 20 0.01 3 10 56 1 8.5 17 0.01
KL38-08 409.1 412.1 3.72 37200 2.72 7.3 460 65 58 7 4 66 4.8 8.5 41 0.1
KL38-08 412.1 415.4 2.94 29400 3.43 12.5 386 88 28 8 7 51 5.2 9.0 40 0.01
KL38-08 415.4 417.5 1.31 13100 1.51 26.4 750 2600 56 10 12 28 6.1 9.5 95 0.1
KL38-08 417.5 418.9 0.92 9200 0.87 14.4 860 1360 23 68 5 9 2.5 7.2 58 0.1
KL38-08 418.9 421.2 0.5 5000 0.3 3.1 590 203 5 6 2 6 0.01 4.5 62 0.01
KL38-08 421.2 423.9 0.87 8700 0.26 5.8 276 268 10 13 4 11 0.7 9.1 116 0.01
KL38-08 423.9 427.1 0.48 4800 0.53 1.9 142 41 1 9 1 9 0.6 4.3 104 0.01
KL38-08 427.1 430.1 0.45 4500 0.25 1.1 81 28 2 63 0.01 7 0.01 2.2 75 0.01
KL38-08 430.1 433.9 0.45 4500 0.22 1.2 232 86 3 69 0.01 7 0.2 2.8 89 0.01
KL38-08 433.9 437.2 0.32 3200 0.17 0.8 93 25 2 12 0.01 7 0.01 4.1 82 0.01
KL38-08 437.2 439.2 0.26 2600 0.21 0.8 47 17 3 40 0.01 4 0.01 1.5 68 0.01



Appendix V - 313 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL38-08 439.2 442.1 0.22 2200 0.15 0.6 71 18 2 19 0.01 5 0.01 1.8 68 0.01
KL38-08 442.1 445.1 0.36 3600 0.11 1.4 107 42 2 11 1 6 0.01 2.8 89 0.01
KL38-08 445.1 448.1 0.62 6200 0.19 11.4 245 366 21 19 20 5 1.2 3.2 87 0.01
KL38-08 448.1 451.1 0.27 2700 0.18 1.4 91 29 1 51 1 5 0.01 2.0 52 0.01
KL38-08 451.1 454.1 0.28 2800 0.09 1.3 58 21 1 8 1 5 0.01 2.5 73 0.01
KL38-08 454.1 457.1 0.42 4200 0.25 1 117 81 1 38 2 5 0.01 4.7 61 0.01
KL38-08 457.1 460.1 0.36 3600 0.32 0.9 58 20 1 15 0.01 4 0.01 2.5 65 0.01
KL38-08 460.1 463.1 0.28 2800 0.22 0.9 56 18 3 14 0.01 4 0.01 1.5 67 0.01
KL38-08 463.1 466.1 0.24 2400 0.21 0.7 44 15 2 10 1 3 0.01 1.6 53 0.01
KL38-08 466.1 469.1 0.42 4200 0.21 1.4 54 15 2 60 2 4 0.01 2.3 49 0.01
KL38-08 469.1 472.1 0.3 3000 0.25 1.3 50 16 11 22 1 6 0.01 2.5 49 0.01
KL38-08 472.1 475.1 0.36 3600 0.24 0.9 61 21 2 113 0.01 4 0.01 3.0 63 0.01
KL38-08 475.1 478.1 0.198 1980 0.1 0.1 43 14 1 28 0.01 3 0.01 1.5 67 0.01
KL38-08 478.1 481.1 0.27 2700 0.13 1.8 361 264 2 9 2 5 0.01 2.4 58 0.01
KL38-08 481.1 484.2 0.147 1470 0.07 1.7 520 268 2 6 3 3 0.01 1.2 72 0.01
KL38-08 484.2 487.1 0.23 2300 0.12 0.6 36 16 1 11 0.01 4 0.01 2.0 73 0.01
KL38-08 487.1 490.1 0.62 6200 0.32 1.4 77 18 8 15 1 10 0.01 4.8 87 0.01
KL38-08 490.1 493.1 0.36 3600 0.43 1.8 106 43 7 8 3 8 0.01 3.0 69 0.01
KL38-08 493.1 496.1 0.26 2600 0.54 0.7 281 40 6 5 0.01 12 0.01 2.0 55 0.01
KL38-08 496.1 499.1 0.35 3500 1.08 1.8 405 75 6 16 2 8 1.8 3.0 66 0.01
KL38-08 499.1 502 0.138 1380 0.07 1.7 172 45 5 71 5 6 1.7 3.8 131 0.01
KL38-08 502 504.6 0.162 1620 0.05 0.1 21 10 0.01 15 0.01 5 0.5 2.1 260 0.01
KL38-08 504.6 508.1 0.102 1020 0.04 0.1 23 8 0.01 85 0.01 4 0.3 1.5 356 0.01
KL38-08 508.1 511.1 0.115 1150 0.12 0.7 16 18 0.01 27 1 12 1.4 1.5 159 0.01
KL38-08 511.1 514.1 0.117 1170 0.07 0.7 14 12 2 61 1 7 0.6 2.6 152 0.01
KL38-08 514.1 516.5 0.171 1710 0.13 0.8 21 11 6 460 4 8 1.8 4.0 153 0.01
KL38-08 516.5 520.1 0.3 3000 0.13 1.8 90 83 0.01 22 0.01 5 1.1 1.0 164 0.01
KL38-08 520.1 523.2 0.3 3000 0.07 1.4 44 18 2 29 0.01 3 0.3 1.4 138 0.01
KL38-08 523.2 526.1 0.159 1590 0.07 1 47 20 7 25 0.01 1 2 0.8 161 0.01
KL38-08 526.1 529.1 0.185 1850 0.05 1.1 40 37 1 29 0.01 2 1.6 0.9 172 0.01
KL38-08 529.1 532.1 0.22 2200 0.08 1.2 115 69 2 101 3 4 1.2 2.0 256 0.01
KL38-08 532.1 535 0.31 3100 0.23 2.3 92 67 110 120 5 10 8.4 4.1 170 0.01
KL38-08 535 538.1 0.25 2500 0.06 0.8 78 40 3 113 1 3 0.8 1.2 195 0.01
KL38-08 538.1 541.1 0.175 1750 0.02 0.7 62 66 11 30 0.01 4 1 1.2 307 0.01
KL38-08 541.1 544.1 0.211 2110 0.04 0.8 43 28 5 72 0.01 2 1.9 1.5 331 0.01
KL38-08 544.1 547.1 0.094 940 0.04 0.1 57 35 27 68 1 6 1.5 2.6 356 0.01
KL38-08 547.1 550.1 0.08 800 0.03 0.1 104 64 8 40 0.01 3 0.9 3.2 338 0.01
KL38-08 550.1 553.1 0.28 2800 0.1 0.8 31 28 9 202 1 3 2.5 4.2 307 0.01
KL38-08 553.1 556.1 0.147 1470 0.05 0.6 16 11 7 79 1 2 2.2 3.7 233 0.01
KL38-08 556.1 559.1 0.123 1230 0.07 0.1 44 27 6 26 1 3 0.8 2.8 198 0.01
KL38-08 559.1 562.1 0.16 1600 0.07 0.1 85 43 11 78 0.01 2 0.8 2.1 163 0.01
KL38-08 562.1 565.1 0.112 1120 0.32 1 184 190 200 185 3 37 11.3 7.1 132 0.01
KL38-08 565.1 568.1 0.012 120 0.04 0.1 81 52 11 85 0.01 2 0.7 1.7 185 0.01
KL38-08 568.1 571.4 0.033 330 0.1 0.6 730 780 61 97 0.01 11 1.8 4.0 300 0.01
KL38-08 571.4 574.1 0.053 530 0.17 0.5 320 190 130 203 1 34 6.8 3.8 278 0.01
KL38-08 574.1 577.1 0.115 1150 0.42 1.2 283 104 260 63 4 63 13.9 6.7 290 0.01
KL38-08 577.1 581.1 0.24 2400 0.63 2.1 78 67 800 198 3 95 64 8.6 203 0.01
KL38-08 581.1 584.1 0.0152 152 0.1 0.1 88 89 21 79 0.01 7 2.1 2.3 349 0.01
KL38-08 584.1 587.1 0.0246 246 0.15 0.1 430 86 37 82 5 8 4.1 7.9 284 0.01
KL38-08 587.1 590.1 0.052 520 0.09 0.1 158 94 61 34 0.01 3 1.7 1.4 343 0.01
KL38-08 590.1 593.1 0.063 630 0.1 0.6 117 62 37 50 0.01 2 1.5 1.7 179 0.01
KL38-08 593.1 596.1 0.104 1040 0.18 0.1 80 95 58 50 1 8 2.4 2.8 315 0.01
KL38-08 596.1 599 0.062 620 0.19 0.6 151 155 84 16 1 4 3.3 3.8 342 0.01
KL40-01 0 2.5 0.0042 42 0.02 0.1 241 92 8 2 0.01 1 1.6 0.0 15 0.1
KL40-01 2.5 5.5 0.0019 19 0.03 0.1 440 190 10 1 0.01 1 3.2 0.5 15 0.01
KL40-01 5.5 8.5 0.004 40 0.06 0.1 2400 252 25 5 0.01 1 24 1.5 15 0.19
KL40-01 8.5 10.8 0.005 50 0.03 0.7 540 190 19 6 1 1 10.1 2.1 15 0.01
KL40-01 10.8 14.5 0.005 50 0.04 0.1 410 178 20 6 1 1 2.9 1.4 16 0.01
KL40-01 14.5 17.5 0.0038 38 0.12 0.9 2800 460 36 29 1 1 12 2.7 16 0.18
KL40-01 17.5 20.5 0.0042 42 0.05 0.8 1300 411 20 3 2 1 4.2 2.5 15 0.17
KL40-01 20.5 23.5 0.0064 64 0.04 0.1 430 185 29 15 3 1 4.1 0.9 15 0.1
KL40-01 23.5 26.5 0.0117 117 0.02 0.1 215 190 25 40 2 1 0.8 0.7 18 0.01
KL40-01 26.5 29.5 0.0113 113 0.04 1 285 346 45 12 3 1 2.4 1.9 30 0.1



Appendix V - 314 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-01 29.5 32.5 0.005 50 0.07 0.8 153 167 75 11 1 1 5.5 0.0 28 0.1
KL40-01 32.5 35.5 0.0062 62 0.09 0.5 132 178 91 7 4 2 3.7 0.6 25 0.1
KL40-01 35.5 37.9 0.0231 231 0.3 3.4 620 430 120 17 24 3 22 1.7 41 0.17
KL40-01 37.9 40.9 0.0081 81 0.1 1.2 241 181 97 20 8 2 6.2 1.0 27 0.12
KL40-01 40.9 44.5 0.0123 123 0.04 0.6 334 127 44 20 2 1 9 0.9 37 0.1
KL40-01 44.5 47.5 0.013 130 0.04 0.1 192 91 41 70 4 1 2.5 0.6 29 0.01
KL40-01 47.5 50.5 0.0042 42 0.39 0.8 520 145 110 29 6 2 12.6 1.7 37 0.16
KL40-01 50.5 53.5 0.0075 75 0.12 0.1 104 110 49 1 2 1 2.9 0.0 18 0.01
KL40-01 53.5 56.5 0.0039 39 0.03 0.1 76 89 26 1 0.01 1 0.8 0.6 20 0.01
KL40-01 56.5 59.5 0.005 50 0.02 0.1 132 217 17 6 0.01 1 0.5 1.9 24 0.01
KL40-01 59.5 62.5 0.0045 45 0.07 0.1 141 180 30 9 0.01 1 2.6 1.3 20 0.1
KL40-01 62.5 65.5 0.0048 48 0.14 0.1 215 134 38 5 0.01 1 4.4 1.4 24 0.11
KL40-01 65.5 68.5 0.004 40 0.08 0.1 157 148 42 2 0.01 1 2.1 1.3 28 0.01
KL40-01 68.5 71.5 0.0045 45 0.03 0.1 294 245 21 5 0.01 1 5.2 1.4 22 0.16
KL40-01 71.5 74.5 0.0052 52 0.03 0.1 262 191 14 10 1 2 9.8 1.4 23 0.01
KL40-01 74.5 77.5 0.0041 41 0.03 0.1 151 148 17 6 0.01 1 1.8 0.6 21 0.01
KL40-01 77.5 80.5 0.0055 55 0.04 0.1 135 224 17 13 0.01 1 4.6 1.3 23 0.01
KL40-01 80.5 83.5 0.0101 101 0.06 0.1 228 280 36 8 0.01 1 3.5 1.5 28 0.01
KL40-01 83.5 86.5 0.0172 172 0.77 59 7600 4300 150 6 1 1 14.6 182.0 29 0.15
KL40-01 86.5 89.5 0.0066 66 0.62 9 7300 4800 92 4 0.01 1 22 4.0 25 0.51
KL40-01 89.5 92.5 0.0045 45 0.39 0.1 197 151 63 5 0.01 1 3.1 3.8 26 0.1
KL40-01 92.5 95.5 0.0057 57 0.17 0.1 178 257 37 14 1 1 2.8 4.0 27 0.1
KL40-01 95.5 99.1 0.0035 35 0.24 0.9 188 1280 56 341 4 1 3.6 15.5 36 0.1
KL40-01 99.1 102.3 0.0116 116 0.02 1.1 530 187 17 27 5 1 0.5 5.4 17 0.01
KL40-01 102.3 105.7 0.0095 95 0.14 0.9 740 1130 46 9 3 1 5.5 10.5 32 0.01
KL40-01 105.7 107.5 0.059 590 0.15 3.6 5100 4100 79 13 16 1 12.3 13.3 38 0.1
KL40-01 107.5 110.5 0.0281 281 0.28 1.9 5200 530 160 147 18 3 14 11.3 65 0.28
KL40-01 110.5 113.5 0.0098 98 0.48 5 2080 890 160 2600 38 2 12.5 14.0 66 0.11
KL40-01 113.5 117.5 0.254 2540 2.31 5.6 1200 490 710 588 19 3 65 10.3 86 0.3
KL40-01 117.5 122 0.456 4560 2.92 7.7 341 287 810 670 18 2 315 13.2 180 0.51
KL40-01 122 125.7 0.302 3020 2.66 5.6 490 214 820 175 17 5 290 12.8 91 0.35
KL40-01 125.7 130.2 4.84 48400 3.57 15.5 7900 1550 970 67 176 4 240 56.5 213 1.45
KL40-01 130.2 134.1 0.0734 734 0.76 6.4 3700 1820 190 60 19 5 13.5 11.8 63 0.28
KL40-01 134.1 139.5 0.0109 109 0.47 2.3 1640 980 85 21 4 2 6.4 6.8 50 0.18
KL40-01 139.5 142 0.0262 262 0.64 11.2 12800 14400 150 70 4 2 30 30.0 36 0.44
KL40-01 142 145.5 0.0281 281 0.51 3.4 3400 880 67 78 8 2 44 7.5 46 0.42
KL40-01 145.5 148.6 0.59 5900 0.91 19.4 35300 1240 780 224 45 45 1070 40.5 41 2.88
KL40-01 148.6 152 0.264 2640 0.51 6.5 5800 410 260 385 16 30 12.8 32.2 23 0.3
KL40-01 152 155.2 0.35 3500 1.34 24 12400 5600 850 160 66 25 40 68.0 42 0.42
KL40-01 155.2 158 0.046 460 1.93 9.8 6400 4400 390 94 12 10 22 57.0 39 0.4
KL40-01 158 162.5 0.187 1870 1.08 8.5 4300 2040 170 55 17 5 40 15.9 43 0.52
KL40-01 162.5 166 0.017 170 0.72 12.7 8300 17500 110 106 2 1 34 22.3 38 0.6
KL40-01 166 168.5 0.0144 144 0.4 4.5 2600 5470 87 25 0.01 1 15.3 10.3 26 0.2
KL40-01 168.5 171.5 0.0193 193 0.28 3.2 1600 2510 40 40 2 1 8.1 8.4 28 0.11
KL40-01 171.5 174.7 0.0348 348 0.91 12.7 8500 4700 140 64 24 1 24 18.0 34 0.25
KL40-01 174.7 177.3 0.045 450 1.47 18.9 8600 8000 380 210 58 1 100 25.2 57 0.38
KL40-01 177.3 179.4 0.05 500 2.38 30 17100 22500 390 138 60 2 125 30.5 65 0.6
KL40-01 179.4 182.4 0.0334 334 1.92 17.7 7600 10100 320 124 28 1 50 19.0 55 0.52
KL40-01 182.4 184.3 0.058 580 1.48 55 29600 32100 490 73 18 2 72 28.5 61 0.56
KL40-01 184.3 188.5 0.054 540 2.7 47 19300 30000 1250 110 36 3 100 53.0 37 0.76
KL40-01 188.5 191.5 0.0336 336 1.37 32.1 15000 25700 540 67 13 2 78 30.0 22 0.7
KL40-01 191.5 194 0.0324 324 0.98 16.1 11000 10400 350 68 10 2 54 23.3 24 0.68
KL40-01 194 197.1 0.0179 179 1.34 12 1530 1340 480 339 8 5 40 13.3 40 0.96
KL40-01 197.1 200 0.0104 104 0.18 62 30500 23400 140 64 3 2 36 6.0 13 0.3
KL40-01 200 203.1 0.0248 248 0.33 15.4 7700 13100 390 101 2 1 15.9 5.0 28 0.14
KL40-01 203.1 206.1 0.0093 93 0.04 0.8 329 175 46 58 1 1 1.6 3.5 14 0.01
KL40-01 206.1 209.6 0.0138 138 0.16 12.1 4700 6200 65 62 2 1 28 2.0 23 0.34
KL40-01 209.6 211.5 0.078 780 0.51 7.8 3500 1460 220 130 12 9 9.6 8.0 29 0.33
KL40-01 211.5 215.5 0.173 1730 0.64 13.6 8800 1400 430 173 29 36 12 15.5 27 0.37
KL40-01 215.5 221.5 0.29 2900 0.84 25.2 22200 870 410 150 45 70 13.3 19.0 28 0.62
KL40-01 221.5 224.5 0.091 910 0.28 11.3 6600 2500 230 185 16 7 11.9 17.0 29 0.28
KL40-01 224.5 230.5 1.29 12900 2.53 69 72500 13500 3280 2880 118 120 50 139.5 86 0.9
KL40-02 0 3.5 0.0081 81 0.03 0.1 277 124 9 8 0.01 1 2.7 2.1 17 0.01



Appendix V - 315 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-02 3.5 6.5 0.0045 45 0.01 0.1 329 147 11 6 0.01 1 2 2.6 15 0.01
KL40-02 6.5 9.5 0.0074 74 0.03 0.1 450 250 23 10 1 1 6.6 2.0 17 0.01
KL40-02 9.5 12.5 0.0075 75 0.05 0.8 560 184 21 4 2 2 7 1.8 18 0.12
KL40-02 12.5 15.5 0.0072 72 0.2 1.7 890 224 12 3 2 1 5.5 1.5 19 0.1
KL40-02 15.5 18.5 0.0289 289 0.1 1 309 374 13 9 2 1 3.6 1.5 16 0.01
KL40-02 18.5 20.7 0.0289 289 0.1 1 309 374 13 9 2 1 3.6 1.5 16 0.01
KL40-02 20.7 23.7 0.0248 248 0.06 0.8 257 210 26 6 2 1 3.4 1.4 17 0.01
KL40-02 23.7 26.7 0.0097 97 0.05 0.1 248 61 75 17 15 1 8.5 1.4 23 0.01
KL40-02 26.7 29.7 0.0129 129 0.04 0.1 238 91 60 9 8 1 5.2 1.5 22 0.01
KL40-02 29.7 32.7 0.0169 169 0.06 0.8 296 102 55 59 15 1 11.1 1.7 28 0.01
KL40-02 32.7 35.7 0.0364 364 0.06 1.2 140 68 64 187 13 2 9.8 1.8 24 0.01
KL40-02 35.7 38.7 0.0149 149 0.02 0.1 162 70 48 6 4 1 2.3 0.8 22 0.01
KL40-02 38.7 41.7 0.0182 182 0.06 0.1 143 98 67 13 7 1 5.4 1.0 22 0.01
KL40-02 41.7 44.7 0.0061 61 0.02 0.1 254 148 43 11 2 1 2.2 1.3 24 0.01
KL40-02 44.7 47.7 0.0155 155 0.05 0.1 520 159 51 9 1 1 5.2 1.9 26 0.01
KL40-02 47.7 50.7 0.0087 87 0.13 0.7 570 145 58 14 2 2 13.7 1.5 20 0.1
KL40-02 50.7 53.7 0.0083 83 0.03 0.7 287 98 70 96 4 1 1.8 1.9 31 0.01
KL40-02 53.7 56.7 0.008 80 0.1 0.9 710 279 86 13 14 2 2.9 2.7 30 0.1
KL40-02 56.7 59.7 0.0031 31 0.05 0.1 530 305 28 7 1 1 3.1 1.3 18 0.01
KL40-02 59.7 62.7 0.0152 152 0.13 0.8 840 173 100 6 0.01 1 6.8 2.2 17 0.13
KL40-02 62.7 65.7 0.0034 34 0.07 0.1 256 156 36 4 1 1 2.3 1.4 20 0.01
KL40-02 65.7 68.7 0.0107 107 0.09 0.6 358 106 50 6 2 1 3.5 2.1 22 0.1
KL40-02 68.7 71.7 0.064 640 0.18 2.8 1280 700 150 31 17 3 48 10.8 48 0.18
KL40-02 71.7 74.7 0.0051 51 0.26 1.2 510 266 84 9 0.01 1 16 6.9 42 0.16
KL40-02 74.7 77.7 0.0079 79 0.31 1.8 2100 490 100 9 5 3 12.8 5.3 40 0.13
KL40-02 77.7 80.7 0.0053 53 0.14 0.8 1020 265 83 13 4 1 11.5 4.5 25 0.01
KL40-02 80.7 83.7 0.0181 181 0.04 0.6 810 163 61 22 3 1 9.8 2.8 35 0.01
KL40-02 83.7 86.7 0.031 310 0.41 4.2 1140 550 320 72 110 7 42 37.7 88 0.1
KL40-02 86.7 89.7 0.0075 75 0.06 0.1 232 84 110 275 1 4 8.6 1.6 66 0.01
KL40-02 89.7 93.1 0.0056 56 0.12 0.1 680 132 64 313 4 4 4.9 3.9 70 0.01
KL40-02 93.1 96.3 0.0095 95 0.15 0.1 610 255 37 35 1 5 1.9 3.3 57 0.1
KL40-02 96.3 99.3 2.67 26700 1.68 27 750 430 1310 143 281 70 1080 57.0 215 3.76
KL40-02 99.3 102.3 0.2 2000 1.27 25 28300 12700 130 330 7 5 30 15.0 251 2.1
KL40-02 102.3 105.3 0.0257 257 1.83 58 46400 34900 210 480 2 5 44 24.0 279 4.24
KL40-02 105.3 108.3 0.066 660 0.71 20.3 660 7100 160 223 150 4 26 10.0 145 0.42
KL40-02 108.3 111.3 0.032 320 0.57 12.1 1150 1290 100 720 75 3 11.6 7.0 127 0.28
KL40-02 111.3 114.3 0.152 1520 0.76 14.3 18200 7400 370 570 155 5 82 18.0 99 0.48
KL40-02 114.3 117.3 0.073 730 1.53 15.1 730 400 110 620 29 4 304 5.3 255 0.64
KL40-02 117.3 120.3 0.048 480 1.75 13.6 381 258 160 1610 72 6 94 8.3 312 0.5
KL40-02 120.3 122.6 0.57 5700 4.52 188 68000 55400 1690 2090 590 18 64 43.5 188 18.9
KL40-02 122.6 125.6 0.055 550 0.8 8.3 35000 6800 170 128 18 7 14.9 30.5 65 0.46
KL40-02 125.6 128.6 0.0258 258 0.31 1.2 1310 317 100 39 3 3 3.5 4.3 24 0.13
KL40-02 128.6 131.6 0.0065 65 0.13 0.1 2640 540 25 32 2 2 1.7 3.3 22 0.1
KL40-02 131.6 134.6 0.042 420 0.27 3.7 10600 3700 90 78 19 4 7 23.5 30 0.42
KL40-02 134.6 137.6 0.0386 386 0.22 1.6 4230 1210 60 58 8 3 2.6 5.8 30 0.25
KL40-02 137.6 140.6 0.012 120 0.07 1.5 1620 347 15 42 45 2 0.7 4.5 26 0.01
KL40-02 140.6 143.6 0.0224 224 0.1 1 5360 308 34 33 7 4 1.7 5.5 26 0.17
KL40-02 143.6 146.6 0.0123 123 0.06 0.1 2760 151 14 30 6 2 0.01 3.0 24 0.15
KL40-02 146.6 149.6 0.0087 87 0.1 0.8 1560 470 21 63 5 2 1.6 2.8 27 0.01
KL40-02 149.6 152.6 0.052 520 0.21 3.2 14700 2200 160 89 9 6 7.6 12.0 35 0.28
KL40-02 152.6 155.6 0.0113 113 0.07 1.1 3340 460 20 24 8 2 1.7 2.8 30 0.1
KL40-02 155.6 157.7 0.059 590 0.2 2.4 14000 500 150 39 23 9 3.6 13.5 23 0.14
KL40-02 157.7 160.6 0.042 420 0.21 1.5 1450 192 98 3030 53 8 2.1 6.0 50 0.01
KL40-02 160.6 163.5 0.0218 218 0.34 2.3 500 393 75 2340 31 8 2.7 10.1 33 0.01
KL40-02 163.5 166.5 0.0265 265 0.11 0.8 1290 116 55 46 4 4 1.8 2.3 13 0.15
KL40-02 166.5 169.5 0.0128 128 0.09 1.1 1260 213 23 25 4 2 0.9 2.5 12 0.12
KL40-02 169.5 172.5 0.0075 75 0.15 2.4 3350 1170 34 18 7 2 1 4.5 13 0.18
KL40-02 172.5 175.5 0.0115 115 0.12 1.2 530 670 24 17 3 3 1.6 2.5 13 0.1
KL40-02 175.5 178.5 0.0137 137 0.11 1.2 2450 880 37 14 2 3 1.2 1.9 14 0.25
KL40-02 178.5 181.5 0.0095 95 0.1 1 1940 870 23 18 2 2 0.9 2.5 11 0.23
KL40-02 181.5 184.5 0.0224 224 0.25 5.1 8300 5100 42 30 7 4 4.7 14.8 14 0.38
KL40-02 184.5 187.5 0.0253 253 0.36 2.4 2520 880 71 31 10 3 3.2 5.8 20 0.23
KL40-02 187.5 190.5 0.0378 378 0.16 0.8 910 168 79 40 4 4 2.3 2.3 21 0.1



Appendix V - 316 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-02 190.5 194.1 0.29 2900 0.34 5.4 4010 1430 830 20 5 16 9.4 5.8 23 0.16
KL40-02 194.1 197.7 0.13 1300 0.25 5 5440 2520 290 20 20 4 5.3 6.5 23 0.01
KL40-02 197.7 201.2 0.4 4000 0.79 5.3 4990 327 740 21 6 40 6.9 11.3 42 0.24
KL40-02 201.2 204.6 0.4 4000 1.01 5.3 4850 292 680 24 7 38 5.9 12.5 41 0.23
KL40-02 204.6 207.6 0.18 1800 1.86 2.9 3210 620 640 7 8 4 14.4 10.2 93 0.01
KL40-02 207.6 210.6 0.44 4400 1.36 4.6 9000 252 300 9 19 16 12.2 9.0 73 0.01
KL40-02 210.6 213.6 0.83 8300 1.64 4.3 10600 1500 840 303 28 34 7 27.0 146 0.01
KL40-02 213.6 216.6 0.77 7700 0.7 3 7600 1100 1730 353 13 41 3.9 29.0 201 0.01
KL40-02 216.6 219.6 0.37 3700 0.36 2.1 750 480 1130 580 7 30 11 14.0 242 0.15
KL40-02 219.6 222.6 0.93 9300 0.42 4.1 1600 640 2640 1170 7 45 5.8 19.0 352 0.19
KL40-02 222.6 225.6 0.64 6400 0.52 3.3 1710 570 2040 500 8 14 2 17.0 209 0.16
KL40-02 225.6 228.6 0.79 7900 1.28 2.1 154 32 1 14 0.01 16 0.01 5.0 131 0.01
KL40-02 228.6 231.6 0.78 7800 1.1 9.1 560 203 1330 50 28 30 2.9 24.5 238 0.01
KL40-02 231.6 234.6 2.05 20500 0.88 9.6 417 218 910 376 7 65 1 33.0 263 0.01
KL40-02 234.6 237.6 3.21 32100 1.12 9.5 600 323 1680 5170 4 38 3 26.0 174 0.01
KL40-02 237.6 240.6 1.3 13000 1.12 10.1 810 325 2180 115 32 60 5.9 21.5 219 0.1
KL40-02 240.6 243.6 2.24 22400 1.1 11.8 400 286 540 562 18 80 19 36.0 157 0.01
KL40-02 243.6 246.6 2.27 22700 0.82 8.2 183 113 900 310 8 70 2.1 43.5 204 0.01
KL40-02 246.6 249.6 2.68 26800 1.26 9 210 148 1980 219 7 36 2 36.0 139 0.15
KL40-02 249.6 252.6 2.14 21400 2.96 25.1 600 270 1870 1250 36 31 2.6 19.0 99 0.01
KL40-02 252.6 255.6 2 20000 2.06 11.5 1480 580 2050 74 29 62 3.5 23.5 140 0.13
KL40-02 255.6 258.6 1.96 19600 1.8 10.6 320 560 2130 88 25 36 4.2 31.0 133 0.18
KL40-02 258.6 261.6 0.98 9800 2.28 11 137 282 1290 152 39 67 1.8 24.5 117 0.01
KL40-02 261.6 264.6 0.88 8800 1.3 2.8 77 85 1720 250 23 70 3.1 55.5 194 0.1
KL40-02 264.6 267.6 1.5 15000 1.12 4.9 305 165 2030 321 15 38 4.2 17.0 218 0.18
KL40-02 267.6 270.6 1.24 12400 1.04 4 105 135 1860 76 18 40 5.7 38.5 178 0.25
KL40-02 270.6 273.6 0.58 5800 1.48 4.3 390 225 1430 68 72 8 4.4 49.8 164 0.13
KL40-02 273.6 276.6 1.02 10200 1.46 4.6 412 182 1630 94 191 2 4.8 40.5 149 0.22
KL40-02 276.6 279.6 3.22 32200 1.48 19 580 760 6560 45 136 2 7.5 43.0 62 0.94
KL40-02 279.6 282.6 3.34 33400 1.64 13.6 530 410 6900 26 53 3 6.9 34.0 142 0.72
KL40-02 282.6 285.6 2.5 25000 2.4 6.4 2300 710 1820 152 22 24 3.1 54.0 163 0.58
KL40-02 285.6 288.6 1.8 18000 2.62 3.8 480 140 560 65 17 34 1.6 56.0 142 0.62
KL40-02 288.6 291.6 0.52 5200 1 2 163 129 170 41 25 4 3.6 54.0 145 0.29
KL40-02 291.6 294.6 0.38 3800 0.88 2.8 430 143 570 53 29 2 2.8 17.8 148 0.22
KL40-02 294.6 297.6 2.4 24000 2.24 9 2050 145 1420 11 62 1 3.3 23.0 78 0.62
KL40-02 297.6 300.6 2.13 21300 1.82 13.5 3300 540 340 83 96 1 7.4 8.5 146 0.18
KL40-02 300.6 303.6 0.26 2600 1.3 5.8 5460 1040 670 35 35 2 6.4 33.4 141 0.1
KL40-02 303.6 306.6 2.4 24000 1.52 11.1 2200 430 200 6 54 1 4.4 23.0 185 0.56
KL40-02 306.6 309.6 1.4 14000 2.38 7.4 146 185 260 3 24 1 1.7 8.5 178 0.44
KL40-02 309.6 312.6 2.83 28300 1.44 6.3 113 91 70 13 19 1 1.7 8.0 146 0.77
KL40-02 312.6 315.6 0.96 9600 1.64 2 127 103 180 8 23 1 1.7 22.0 162 0.32
KL40-02 315.6 318.6 0.75 7500 1.16 4.3 2380 560 130 48 23 5 3.9 34.0 160 0.35
KL40-02 318.6 321.6 1.31 13100 1.08 2.8 280 69 150 30 37 5 0.8 49.0 162 0.37
KL40-02 321.6 324.6 1.87 18700 0.92 5.6 73 37 42 45 16 18 1.4 47.0 203 0.24
KL40-02 324.6 327.6 1.05 10500 0.59 4.1 117 54 33 62 6 39 0.9 33.5 145 0.19
KL40-02 327.6 330.6 1.49 14900 0.77 3.7 60 43 33 157 1 72 0.7 32.0 148 0.18
KL40-02 330.6 333.6 2.25 22500 0.95 7.3 65 30 21 61 7 79 0.6 54.0 34 0.23
KL40-02 333.6 336.6 0.83 8300 0.59 3.2 41 31 30 71 7 13 0.8 36.0 166 0.18
KL40-02 336.6 339.6 1.51 15100 0.72 5.1 46 26 26 77 8 14 0.6 25.0 41 0.27
KL40-02 339.6 342.6 1.11 11100 0.84 2.3 58 30 33 46 7 30 0.8 34.5 147 0.32
KL40-02 342.6 345.6 0.36 3600 0.58 1.5 52 35 50 107 6 15 0.7 29.9 45 0.19
KL40-02 345.6 348.6 1.34 13400 0.94 3.5 65 54 83 60 18 12 2 29.5 130 0.32
KL40-02 348.6 351.6 1.26 12600 1.08 4.5 68 59 35 40 18 14 0.7 28.5 57 0.31
KL40-02 351.6 354.6 1.4 14000 1.7 3 83 66 39 35 16 40 0.6 41.0 173 0.18
KL40-02 354.6 357.6 1.19 11900 1.2 1.8 365 89 82 49 6 57 1.1 20.0 42 0.14
KL40-02 357.6 360.6 1.98 19800 1.2 2.7 1280 290 56 47 6 28 0.6 14.5 38 0.13
KL40-02 360.6 363.6 1.94 19400 1.82 4.3 990 240 54 188 7 58 0.9 14.0 34 0.23
KL40-02 363.6 366.6 1 10000 1.28 2.7 1310 440 160 116 15 48 1.2 18.5 52 0.11
KL40-02 366.6 369.6 0.86 8600 1.12 2.4 3800 2100 220 153 18 72 1.3 19.5 157 0.01
KL40-02 369.6 372.6 1.21 12100 1.4 3 4180 2700 210 128 16 74 1.1 19.0 65 0.01
KL40-02 372.6 375.6 1.09 10900 1.42 3.4 430 129 150 149 27 70 1.3 26.0 143 0.01
KL40-02 375.6 378.6 0.99 9900 1.28 5.3 430 175 400 56 21 60 2.8 17.5 126 0.01
KL40-02 378.6 381.6 0.97 9700 0.9 11.1 570 1430 110 108 13 35 1.6 27.0 101 0.01



Appendix V - 317 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-02 381.6 384.6 1.26 12600 1.12 7.7 1610 3600 110 175 13 41 3.9 18.5 53 0.01
KL40-02 384.6 387.6 2.46 24600 1.6 9 1240 570 110 314 7 42 2.3 19.0 126 0.01
KL40-02 387.6 390.6 1.72 17200 1.5 8.7 1190 1040 140 401 14 43 2.8 23.8 49 0.01
KL40-02 390.6 393.6 4.82 48200 3.31 11.3 1170 305 56 240 5 75 1.6 26.0 158 0.01
KL40-02 393.6 396.6 1.53 15300 1.36 6 394 349 58 353 4 49 1.8 17.5 41 0.01
KL40-02 396.6 399.6 1.52 15200 2.35 9.4 2100 2800 96 102 8 22 5.6 13.5 84 0.01
KL40-02 399.6 402 0.6 6000 0.96 5.3 1400 1450 120 87 15 13 2.3 7.0 143 0.01
KL40-02 402 406.7 0.57 5700 0.92 3.9 1700 1110 180 140 33 18 3.9 9.4 71 0.01
KL40-02 406.7 409.2 0.394 3940 0.4 4.9 1500 810 69 105 34 11 2.1 29.5 204 0.01
KL40-02 409.2 413.7 0.285 2850 0.51 2.4 1400 362 79 210 13 15 1.4 21.8 181 0.01
KL40-02 413.7 423.2 0.78 7800 0.76 6.8 760 365 210 171 17 9 1.6 12.4 161 0.1
KL40-02 423.2 426.4 0.344 3440 0.68 6 230 68 170 130 39 12 0.4 25.5 42 0.01
KL40-02 426.4 431.6 0.64 6400 1.06 4.3 850 217 1180 227 15 10 0.7 21.3 140 0.01
KL40-02 431.6 451.3 0.7 7000 1.52 14.9 2090 1730 690 519 15 21 5.4 3.9 45 0.01
KL40-02 451.3 456.5 0.0137 137 0.18 0.8 102 74 33 35 16 3 1.1 1.6 17 0.01
KL40-02 456.5 459.5 0.0192 192 0.07 0.1 71 18 30 15 0.01 1 0.4 1.8 17 0.01
KL40-02 459.5 462.7 0.0201 201 0.26 1.1 1230 590 91 12 2 1 2.9 4.0 26 0.01
KL40-02 462.7 465 0.0298 298 0.17 0.6 353 174 55 60 9 1 1.9 3.2 21 0.01
KL40-02 465 467.9 0.0051 51 0.04 0.1 43 14 18 6 0.01 1 0.2 1.6 18 0.01
KL40-02 467.9 471.8 0.0081 81 0.06 0.1 148 74 27 7 0.01 1 0.6 1.9 15 0.01
KL40-02 471.8 474.7 0.0037 37 0.05 0.1 54 18 7 2 0.01 1 0.2 1.0 13 0.01
KL40-02 474.7 477.7 0.0094 94 0.03 0.1 40 20 26 4 0.01 1 0.01 1.3 12 0.01
KL40-02 477.7 480.7 0.0062 62 0.01 0.1 57 12 12 3 0.01 1 0.01 0.9 12 0.01
KL40-02 480.7 483.5 0.0056 56 0.03 0.1 43 8 11 1 0.01 1 0.01 1.0 14 0.01
KL40-02 483.5 486.7 0.0042 42 0.05 0.1 147 112 26 3 0.01 1 0.7 2.6 10 0.01
KL40-02 486.7 489.2 0.0043 43 0.01 0.1 49 6 16 1 0.01 1 0.2 0.8 15 0.01
KL40-02 489.2 492.7 0.0052 52 0.01 0.1 366 30 25 2 0.01 1 0.3 0.8 16 0.01
KL40-02 492.7 494.9 0.0046 46 0.02 0.1 100 25 24 4 0.01 1 0.2 0.7 16 0.01
KL40-02 494.9 497.9 0.0047 47 0.02 0.1 200 87 22 5 2 1 0.4 0.8 13 0.01
KL40-02 497.9 501.7 0.038 380 0.2 0.5 380 179 61 90 8 1 1.6 3.0 23 0.01
KL40-02 501.7 504.8 0.0044 44 0.01 0.1 44 14 9 4 0.01 1 0.01 0.8 14 0.01
KL40-02 504.8 507.8 0.0039 39 0.02 0.1 49 12 11 4 0.01 1 0.01 0.7 18 0.01
KL40-02 507.8 512.9 0.016 160 0.02 0.1 60 14 8 27 0.01 1 0.01 1.1 16 0.01
KL40-02 512.9 515.5 0.042 420 0.04 0.1 51 12 9 80 0.01 1 0.01 1.4 12 0.01
KL40-02 515.5 519 0.0033 33 0.01 0.1 37 9 3 4 0.01 1 0.01 0.6 14 0.01
KL40-02 519 522.7 0.0039 39 0.05 0.1 167 15 14 3 0.01 1 0.2 0.6 14 0.01
KL40-02 522.7 525.7 0.006 60 0.04 1.1 231 510 28 10 6 1 1.8 4.5 13 0.01
KL40-02 525.7 528.8 0.0074 74 0.1 0.1 61 33 12 8 7 1 0.3 0.7 15 0.01
KL40-02 528.8 531.7 0.0203 203 0.02 0.1 70 15 30 21 0.01 1 0.2 1.4 17 0.01
KL40-02 531.7 534.7 0.0136 136 0.05 0.1 82 27 24 14 0.01 1 0.4 1.3 17 0.01
KL40-02 534.7 537.4 0.0038 38 0.01 0.1 45 10 5 3 0.01 1 0.01 0.0 15 0.01
KL40-02 537.4 540.3 0.0098 98 0.03 0.1 69 33 19 8 0.01 1 0.2 1.0 18 0.01
KL40-02 540.3 543.3 0.0211 211 0.03 0.1 47 1 27 5 0.01 6 0.2 1.8 41 0.01
KL40-02 543.3 546.3 0.0025 25 0.01 0.1 14 8 0.01 4 0.01 1 0.01 0.0 17 0.01
KL40-02 546.3 549.7 0.0212 212 0.21 2.1 2040 700 74 7 0.01 1 6.8 2.3 17 0.01
KL40-02 549.7 552.7 0.005 50 0.04 0.1 176 314 26 7 3 1 1.4 3.2 15 0.01
KL40-02 552.7 555.7 0.0021 21 0.04 0.1 26 8 14 5 0.01 1 0.2 1.5 20 0.01
KL40-02 555.7 558.7 0.0032 32 0.02 0.1 44 28 13 4 0.01 1 0.4 0.8 15 0.01
KL40-02 558.7 561.7 0.0109 109 0.01 0.1 60 15 19 2 0.01 1 1.5 0.8 14 0.01
KL40-02 561.7 564.8 0.0033 33 0.1 0.1 57 33 18 10 0.01 1 0.2 0.6 18 0.01
KL40-02 564.8 567.7 0.004 40 0.02 0.1 22 23 12 2 0.01 1 0.7 0.7 19 0.01
KL40-02 567.7 570.7 0.0066 66 0.03 0.1 46 19 12 4 0.01 1 0.6 0.0 16 0.01
KL40-02 570.7 573.7 0.0023 23 0.04 0.1 33 23 13 3 0.01 1 0.7 0.0 20 0.01
KL40-02 573.7 576.7 0.0018 18 0.03 0.1 55 44 11 3 0.01 1 0.6 0.0 18 0.01
KL40-02 576.7 579.7 0.0077 77 0.03 0.1 26 19 8 3 0.01 1 0.01 0.0 15 0.01
KL40-02 579.7 582.7 0.0186 186 0.06 0.9 132 185 34 1 0.01 1 14.2 1.0 18 0.01
KL40-02 582.7 585.7 0.075 750 0.07 0.5 91 36 21 1 1 1 2.1 1.7 14 0.01
KL40-02 585.7 588.7 0.0387 387 0.06 0.7 191 46 56 1 0.01 1 12 1.4 18 0.01
KL40-02 588.7 591.3 0.0109 109 0.09 0.1 71 16 16 4 0.01 1 0.4 1.4 15 0.01
KL40-02 591.3 594.4 0.0024 24 0.03 0.1 21 14 6 1 0.01 1 0.2 0.6 12 0.01
KL40-03 0 3 0.0061 61 0.03 0.5 276 103 12 11 2 1 3.4 1.5 17 0.01
KL40-03 3 5.7 0.0192 192 0.04 0.6 224 127 18 23 7 1 1.3 2.8 21 0.01
KL40-03 5.7 8.7 0.0043 43 0.01 0.9 404 160 15 4 1 1 2.3 1.3 20 0.01



Appendix V - 318 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-03 8.7 11.7 0.0069 69 0.03 0.8 470 231 19 8 2 1 3 1.5 21 0.01
KL40-03 11.7 14.7 0.0053 53 0.13 1.2 760 189 18 3 2 1 3.9 1.5 22 0.2
KL40-03 14.7 17.7 0.0105 105 0.12 1.6 1420 364 32 14 17 1 3 4.3 18 0.15
KL40-03 17.7 20.7 0.0305 305 0.05 1.5 840 128 47 16 11 2 16.6 2.7 24 0.1
KL40-03 20.7 23.7 0.0065 65 0.01 0.9 355 204 21 10 3 2 2.4 2.3 18 0.01
KL40-03 23.7 26.7 0.0266 266 0.09 1.9 1240 194 75 49 31 2 8.5 4.8 30 0.11
KL40-03 26.7 29.7 0.0159 159 0.08 1.8 500 264 50 64 18 2 16 2.3 27 0.14
KL40-03 29.7 32.7 0.0272 272 0.18 1.2 460 268 47 93 22 2 2.8 5.9 22 0.01
KL40-03 32.7 35.7 0.0125 125 0.04 0.6 500 102 52 32 8 1 6.4 2.0 28 0.01
KL40-03 35.7 38.7 0.0156 156 0.03 1 295 126 31 22 11 1 2.5 2.0 18 0.01
KL40-03 38.7 41.7 0.0133 133 0.14 0.8 1230 105 48 55 12 1 4.4 3.0 20 0.1
KL40-03 41.7 44.7 0.05 500 0.08 0.7 410 108 76 349 8 4 12.5 3.0 23 0.13
KL40-03 44.7 47.7 0.103 1030 0.1 2.1 1850 138 130 78 30 4 34 5.3 28 0.26
KL40-03 47.7 50.7 0.0212 212 0.08 1.7 1880 340 73 57 19 3 12.4 4.3 23 0.11
KL40-03 50.7 53.7 0.0107 107 0.05 1 1240 210 53 24 6 1 10.5 2.5 25 0.01
KL40-03 53.7 56.7 0.075 750 0.08 2.1 1850 242 260 13 15 5 10.4 5.8 18 0.48
KL40-03 56.7 59 0.0134 134 0.04 0.6 670 217 45 16 3 1 6.4 3.0 20 0.1
KL40-03 59 61.5 0.072 720 0.09 1.9 1510 203 44 38 9 3 2.8 3.8 37 0.11
KL40-03 61.5 63.5 0.0152 152 0.1 0.9 285 105 64 46 4 9 3.4 12.0 18 0.1
KL40-03 63.5 65.4 0.0123 123 0.06 3.1 165 700 78 8 7 9 3 7.3 18 0.01
KL40-03 65.4 68.5 0.0306 306 0.08 5.7 410 840 66 9 30 8 3.8 4.8 18 0.1
KL40-03 68.5 71.6 0.0279 279 0.13 1.7 384 296 93 11 13 6 5.4 16.5 23 0.1
KL40-03 71.6 74.7 0.0242 242 0.19 1.9 435 1000 210 16 3 9 9 9.8 18 0.13
KL40-03 74.7 77.7 0.39 3900 0.24 41 68600 43200 200 42 25 8 175 67.8 17 0.85
KL40-03 77.7 80.7 0.14 1400 0.41 40 48100 49100 170 25 30 6 50 140.0 65 0.27
KL40-03 80.7 83.7 0.0354 354 0.2 5.5 9400 7900 71 35 18 6 9.8 23.5 17 0.26
KL40-03 83.7 86.7 0.047 470 0.17 2.2 700 350 82 14 22 9 5.3 33.5 22 0.1
KL40-03 86.7 89.7 0.0154 154 0.04 1.8 700 1310 55 44 3 11 3 4.5 30 0.01
KL40-03 89.7 92.7 0.0174 174 0.07 0.7 500 125 58 40 34 10 3.4 14.6 22 0.01
KL40-03 92.7 95.7 0.0064 64 0.07 0.6 172 58 58 6 3 12 1.9 4.8 24 0.01
KL40-03 95.7 98.8 0.0194 194 0.13 1.4 223 140 130 1070 14 2 4.1 10.5 21 0.01
KL40-03 98.8 101.6 0.11 1100 0.15 1.7 231 124 180 841 18 8 23.5 13.0 18 0.01
KL40-03 101.6 104.7 0.062 620 0.11 1.6 307 198 69 286 11 3 8.8 4.8 23 0.01
KL40-03 104.7 106.7 0.0204 204 0.4 1.5 500 208 62 73 6 3 4.5 8.0 24 0.1
KL40-03 106.7 109 1.91 19100 1.44 6.1 720 480 410 760 67 4 122 17.5 134 0.44
KL40-03 109 111.2 1.5 15000 1.4 2.8 326 376 190 1780 7 2 42 9.5 137 0.27
KL40-03 111.2 113.7 0.281 2810 0.6 2.7 1700 520 110 111 1 1 52 4.8 182 0.47
KL40-03 113.7 116.4 0.062 620 0.93 1.9 1130 530 78 187 4 2 28 3.5 85 0.15
KL40-03 116.4 119.7 0.0309 309 0.63 1.5 1380 375 78 232 3 1 20 4.0 191 0.21
KL40-03 119.7 122.7 0.0174 174 0.69 2.6 550 267 130 220 14 2 10.5 7.5 195 0.24
KL40-03 122.7 125.7 0.0184 184 1.28 1.8 650 245 240 3920 8 6 15.7 16.3 174 0.62
KL40-03 125.7 128.7 0.04 400 2.12 4.9 3000 9600 430 2900 26 5 22 13.9 234 0.68
KL40-03 128.7 131.2 0.065 650 1.18 5.2 16600 2700 520 830 31 15 29 22.0 210 0.78
KL40-03 131.2 134 0.21 2100 1.75 40 69500 15200 500 568 113 13 45 46.0 113 1.85
KL40-03 134 136.7 0.086 860 0.31 6.5 24400 3900 120 123 54 4 12.8 20.9 32 0.37
KL40-03 136.7 138.7 0.0206 206 0.28 2.5 7500 780 53 113 56 2 3.2 6.3 27 0.33
KL40-03 138.7 141.7 0.014 140 0.16 2 5500 640 42 67 20 1 2.8 8.0 24 0.24
KL40-03 141.7 145.7 0.0152 152 0.12 1.2 4300 236 43 115 4 2 3.9 12.8 25 0.22
KL40-03 145.7 147.7 0.0184 184 0.1 0.9 2100 158 76 184 4 2 3.2 4.0 21 0.16
KL40-03 147.7 149.7 0.0131 131 0.05 0.6 2200 48 66 216 14 2 4.9 4.5 26 0.01
KL40-03 149.7 152.4 0.0122 122 0.12 1.2 2800 77 56 1180 16 8 2 3.3 24 0.01
KL40-03 152.4 155.7 0.056 560 0.23 2.9 5600 2400 72 180 16 6 4.6 12.5 21 0.18
KL40-03 155.7 158.7 0.0276 276 0.31 1.6 1700 160 110 172 12 2 6.1 3.8 25 0.29
KL40-03 158.7 161.7 0.0284 284 0.24 2.5 2100 302 100 60 75 2 3.3 6.3 20 0.21
KL40-03 161.7 164 0.0192 192 0.17 1.6 2200 278 50 108 21 3 1.4 5.0 18 0.24
KL40-03 164 167.7 0.0208 208 0.2 1.5 2800 440 40 40 33 1 2.4 4.8 14 0.2
KL40-03 167.7 170.7 0.0237 237 0.21 2.4 1800 406 72 27 17 1 2.8 5.3 21 0.26
KL40-03 170.7 173.7 0.0184 184 0.2 1 1440 151 55 26 16 1 1.7 5.5 18 0.16
KL40-03 173.7 175.8 0.0122 122 0.21 0.6 1640 75 43 28 16 2 2.7 2.8 16 0.14
KL40-03 175.8 177.6 0.034 340 0.73 1.7 4700 199 190 29 16 18 11.7 6.5 17 0.58
KL40-03 177.6 179.7 0.32 3200 1.43 3.7 11700 1640 390 104 116 43 35 16.8 43 0.68
KL40-03 179.7 182.3 1.73 17300 2.27 3.2 650 124 390 270 3 45 17 20.0 67 0.18
KL40-03 182.3 185.7 1.02 10200 1.84 3.3 247 37 59 98 5 15 11.4 18.0 61 0.12



Appendix V - 319 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-03 185.7 188.7 1.39 13900 2.04 5.7 980 93 1170 285 9 77 48 74.0 107 0.23
KL40-03 188.7 191.7 1.41 14100 1.8 2.7 328 72 560 337 13 86 25.3 83.0 85 0.16
KL40-03 191.7 194.7 4.16 41600 2.23 5.3 268 40 46 343 1 94 6.3 50.0 46 0.01
KL40-03 194.7 197.7 1.25 12500 1.17 2.4 340 62 34 191 3 40 3.9 14.5 33 0.01
KL40-03 197.7 200.7 0.471 4710 0.65 1.7 167 28 25 28 3 37 2.6 15.3 20 0.01
KL40-03 200.7 203.7 0.7 7000 1.18 2.4 198 116 56 31 1 50 3.6 20.3 38 0.01
KL40-03 203.7 206.7 0.299 2990 0.64 0.8 154 61 93 31 1 33 3.2 17.8 36 0.01
KL40-03 206.7 209.7 0.99 9900 1.02 2.7 186 21 32 124 0.01 48 2.4 9.3 27 0.01
KL40-03 209.7 212.7 1.35 13500 1.6 4.7 145 18 25 25 1 40 3.8 14.0 28 0.01
KL40-03 212.7 215.7 3.55 35500 3.51 11.5 4200 281 170 620 0.01 115 8.5 35.0 60 0.01
KL40-03 215.7 218.7 2.71 27100 2.62 8 2800 214 260 230 0.01 79 8.8 17.0 46 0.01
KL40-03 218.7 221.7 1.14 11400 1.37 2.8 115 45 270 27 0.01 15 6.4 19.0 45 0.01
KL40-03 221.7 224.7 0.152 1520 0.24 1 15100 4500 260 521 0.01 13 5.8 6.5 142 0.1
KL40-03 224.7 227.7 0.56 5600 0.68 1.2 175 24 58 252 0.01 18 3.4 14.5 26 0.1
KL40-03 227.7 230.7 2.1 21000 1.46 4.6 268 410 200 200 0.01 45 6.3 14.0 30 0.01
KL40-03 230.7 233.7 1.51 15100 1.12 12.7 1800 1100 1430 132 6 40 11.4 10.5 48 0.33
KL40-03 233.7 236 1.22 12200 4.83 51 4300 27600 2670 216 62 44 40 48.0 64 1.15
KL40-03 236 239.5 0.86 8600 1.4 74 12300 50400 1790 508 138 17 52 25.2 198 1.43
KL40-03 239.5 242.7 0.47 4700 0.52 4.4 6400 5600 500 1440 4 7 4 9.2 107 0.28
KL40-03 242.7 245.7 0.28 2800 0.6 2.5 16200 5400 340 450 1 14 7.3 7.7 199 0.34
KL40-03 245.7 248.7 2.17 21700 2.52 5.1 174 68 200 50 0.01 46 6.6 14.8 37 0.11
KL40-03 248.7 251.7 0.17 1700 0.11 0.8 5500 330 180 790 0.01 16 2.7 3.5 55 0.01
KL40-03 251.7 254.7 1.09 10900 0.71 4.2 1060 580 620 195 1 31 8.5 10.4 41 0.12
KL40-03 254.7 257.7 1.07 10700 0.44 2.7 690 670 1170 600 0.01 34 7.5 11.5 58 0.72
KL40-03 257.7 260.2 1.7 17000 1.21 4.6 410 470 280 230 2 48 4.5 12.0 48 0.3
KL40-03 260.2 263.7 1.48 14800 0.99 4.6 368 330 160 448 1 54 5 12.5 52 0.14
KL40-03 263.7 266.7 1 10000 0.37 3.3 580 396 96 156 1 35 1.3 9.8 28 0.01
KL40-03 266.7 269.7 1.07 10700 0.46 3.6 302 224 190 104 1 36 4.2 8.0 32 0.1
KL40-03 269.7 272.7 0.6 6000 0.63 3.2 351 430 140 64 3 58 7.2 8.8 30 0.01
KL40-03 272.7 275.7 0.89 8900 0.48 2.6 126 99 160 50 0.01 38 5 5.5 31 0.01
KL40-03 275.7 278.7 1.07 10700 0.37 6.8 520 380 110 180 0.01 34 6.6 6.1 29 0.01
KL40-03 278.7 282 1.25 12500 0.54 2.8 237 150 180 61 1 25 5.6 11.0 18 0.01
KL40-03 282 284.7 1.78 17800 1.01 3.3 291 375 340 86 4 16 7.1 16.0 29 0.13
KL40-03 284.7 286.7 1.29 12900 1.72 10.2 3100 2400 230 19 1 13 12.1 20.0 37 0.22
KL40-03 286.7 288.7 2.05 20500 1.24 9 239 810 110 67 1 14 8.5 21.0 68 0.18
KL40-03 288.7 290.7 1.27 12700 0.69 7.8 335 550 100 372 12 16 5.3 61.0 60 0.1
KL40-03 290.7 293.7 0.95 9500 0.65 10.7 1870 910 110 630 42 12 2.7 115.0 71 0.01
KL40-03 293.7 295.7 1.75 17500 0.88 7.3 2520 6500 660 24 7 19 6.6 12.0 27 0.01
KL40-03 295.7 297.7 0.92 9200 0.74 5.9 2150 1700 540 28 7 14 2.2 11.0 128 0.1
KL40-03 297.7 299.7 0.62 6200 0.62 3.8 246 99 220 247 23 41 2.7 18.5 38 0.01
KL40-03 299.7 302.7 0.481 4810 0.84 3.4 1800 362 1280 780 11 30 2.5 11.3 55 0.01
KL40-03 302.7 305.7 1.99 19900 1.48 10.5 2190 287 160 98 4 30 2.2 14.8 84 0.01
KL40-03 305.7 308.7 1.78 17800 1.78 23.8 1310 256 54 44 5 16 1.5 13.0 28 0.01
KL40-03 308.7 311.7 1.36 13600 1.4 14.5 410 83 58 53 11 24 1.7 22.5 101 0.01
KL40-03 311.7 314.7 1.44 14400 1.2 11.3 7060 43 66 6 34 31 1.3 13.0 28 0.01
KL40-03 314.7 317.7 0.92 9200 0.8 9.8 4080 72 100 144 34 25 2.6 12.8 34 0.01
KL40-03 317.7 320.7 2.23 22300 1.64 10.8 1630 43 410 270 34 32 1.8 11.0 64 0.1
KL40-03 320.7 323.7 5.06 50600 2.72 9.9 610 193 11 286 1 54 0.8 13.0 45 0.1
KL40-03 323.7 326.7 4.61 46100 2.05 14.7 430 295 6750 2400 4 46 4.2 16.0 79 0.2
KL40-03 326.7 329.7 2.49 24900 1.39 9.6 540 343 520 470 9 40 2 18.5 37 0.28
KL40-03 329.7 332.7 0.67 6700 1.68 21.5 2100 800 1230 6 91 21 6.1 51.3 49 0.85
KL40-03 332.7 335.7 1.66 16600 1.53 10.5 490 2800 370 7 32 18 4 12.5 52 0.68
KL40-03 335.7 338.2 4.24 42400 2.34 8.4 287 580 41 24 4 42 1.7 12.5 38 0.18
KL40-03 338.2 341.2 1.49 14900 0.8 4 196 71 28 13 4 36 1.2 15.5 24 0.16
KL40-03 341.2 344.3 3.91 39100 1.89 4.9 112 27 16 955 1 48 0.2 14.0 31 0.1
KL40-03 344.3 347.4 4.12 41200 1.32 5.6 102 36 8 1050 0.01 45 0.9 12.0 28 0.18
KL40-03 347.4 350.5 3.23 32300 1.94 8.5 223 73 20 28 4 59 0.9 14.0 32 0.1
KL40-03 350.5 353.6 2.31 23100 3.05 5.7 480 580 80 152 6 32 1.4 22.8 28 0.42
KL40-03 353.6 356.7 2.05 20500 1.83 3.6 196 192 32 131 3 41 0.8 15.0 27 0.15
KL40-03 356.7 359.7 2.51 25100 2.41 4.6 152 34 16 420 2 19 1 12.0 50 0.1
KL40-03 359.7 362.7 1.67 16700 1.75 4.5 84 41 23 69 9 51 0.8 19.0 36 0.01
KL40-03 362.7 365.7 2.39 23900 1.97 8.4 67 48 20 57 4 48 0.6 14.0 27 0.01
KL40-03 365.7 368.7 3.55 35500 1.63 5.3 226 78 64 51 4 91 0.9 37.5 39 0.21



Appendix V - 320 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-03 368.7 371.7 2.52 25200 1.74 10.5 103 46 38 61 6 79 2.2 10.0 30 0.1
KL40-03 371.7 374.7 5.34 53400 2.41 15 1340 38 70 15 2 102 1.1 15.0 64 0.01
KL40-03 374.7 376.2 4.47 44700 1.36 11.2 175 64 69 31 4 62 1.5 24.0 96 0.16
KL40-03 376.2 380.7 1.76 17600 0.24 1.8 770 275 29 995 1 24 0.6 18.5 40 0.36
KL40-03 380.7 383.7 2.75 27500 0.27 2.2 58 380 86 130 2 33 1 33.0 57 0.1
KL40-03 383.7 386.7 1.27 12700 0.23 1.2 219 66 29 1570 3 16 0.5 27.0 152 0.18
KL40-03 386.7 389.7 0.65 6500 0.16 0.6 175 51 15 337 1 9 0.2 17.5 185 0.14
KL40-03 389.7 392.7 0.74 7400 0.2 0.7 820 302 19 234 1 25 0.4 25.0 55 0.18
KL40-03 392.7 395.7 1.35 13500 0.32 6.4 235 192 56 335 5 18 0.4 18.0 162 0.32
KL40-03 395.7 398.7 1.65 16500 0.41 8.8 76 159 60 203 1 12 0.2 15.5 73 0.36
KL40-03 398.7 401.7 1.24 12400 0.16 0.8 235 56 6 650 1 8 0.3 23.8 272 0.21
KL40-03 401.7 404.7 1.54 15400 0.15 1.2 34 32 10 470 2 13 0.3 21.0 266 0.17
KL40-03 404.7 407.7 1.47 14700 0.13 1 19 18 7 468 2 19 0.3 19.5 73 0.23
KL40-03 407.7 410.7 1.68 16800 0.13 1.5 42 40 12 500 3 15 0.4 29.0 172 0.24
KL40-03 410.7 413.7 1.58 15800 0.21 1.1 231 50 9 182 1 12 0.2 26.0 45 0.11
KL40-03 413.7 416.7 1.5 15000 0.26 1.2 126 110 33 195 1 20 0.5 30.5 172 0.22
KL40-03 416.7 419.7 2.2 22000 0.25 1.6 150 228 15 207 1 13 0.5 22.0 81 0.23
KL40-03 419.7 422.7 1.85 18500 0.25 1.7 248 77 14 770 1 13 0.2 33.0 78 0.24
KL40-03 422.7 425 2.01 20100 0.22 2.3 142 102 55 359 1 9 0.7 19.5 28 0.23
KL40-03 425 428.7 1.29 12900 0.13 1.5 90 45 12 290 1 17 0.01 24.5 63 0.2
KL40-03 428.7 431.7 0.92 9200 0.17 1.3 880 222 40 183 1 8 6.5 15.3 69 0.25
KL40-03 431.7 434.7 1.35 13500 0.14 2.3 640 292 46 150 2 13 2.6 24.0 146 0.21
KL40-03 434.7 437.7 0.96 9600 0.09 1.8 33 36 7 143 2 12 0.4 14.8 45 0.1
KL40-03 437.7 440.7 1.28 12800 0.12 3.8 56 26 6 302 6 19 0.01 23.5 50 0.15
KL40-03 440.7 443.7 0.65 6500 0.09 1.5 41 26 7 162 5 27 1.1 16.5 173 0.11
KL40-03 443.7 446.7 0.97 9700 0.11 4.6 730 141 12 87 5 13 0.8 13.8 78 0.21
KL40-03 446.7 449.7 0.74 7400 0.08 3.6 141 54 11 192 8 19 0.5 17.7 146 0.2
KL40-03 449.7 452.7 1.06 10600 0.14 6.8 301 83 10 189 15 20 0.5 16.8 66 0.26
KL40-03 452.7 455.7 1.02 10200 0.18 3.2 2370 2300 9 263 12 18 0.6 22.3 40 0.45
KL40-03 455.7 458 0.85 8500 0.12 3 2210 339 10 153 12 18 0.4 16.5 53 0.59
KL40-03 458 461.1 0.76 7600 0.11 1.6 141 116 34 68 8 21 0.7 15.0 70 0.2
KL40-03 461.1 464.2 0.82 8200 0.12 2.3 164 60 15 690 3 29 0.5 17.2 207 0.17
KL40-03 464.2 467.3 1.39 13900 0.1 4.6 82 117 16 365 6 11 0.4 16.0 64 0.22
KL40-03 467.3 470.4 0.94 9400 0.09 2.3 360 240 36 310 1 10 0.8 11.0 53 0.25
KL40-03 470.4 473.5 0.95 9500 0.14 1.2 55 56 13 259 1 10 0.7 16.5 50 0.13
KL40-03 473.5 476.6 0.95 9500 0.12 1 115 44 35 214 2 12 7.3 9.2 136 0.18
KL40-03 476.6 479.7 1.04 10400 0.06 2.8 400 233 22 110 4 9 0.6 14.0 44 0.39
KL40-03 479.7 482.7 0.284 2840 0.08 1.8 365 130 54 169 4 13 3 19.4 168 0.19
KL40-03 482.7 485.7 0.464 4640 0.13 1.1 176 54 35 390 4 22 0.8 21.2 61 0.12
KL40-03 485.7 488.7 1.94 19400 0.24 2.7 94 59 66 192 4 32 2.5 25.2 51 0.32
KL40-03 488.7 490.8 2.84 28400 0.32 3.6 148 46 40 50 4 13 1.6 20.0 70 0.16
KL40-03 490.8 492.8 1.15 11500 0.35 2.7 157 68 80 500 7 47 2 20.5 38 0.16
KL40-03 492.8 495.1 0.63 6300 0.17 2.1 76 140 320 260 13 13 19.4 26.8 82 0.12
KL40-03 495.1 497.7 0.87 8700 0.18 10.8 130 62 420 394 5 7 132 12.9 103 0.7
KL40-03 497.7 500.7 0.58 5800 0.1 1.9 113 314 48 540 7 23 1.5 18.0 107 0.14
KL40-03 500.7 503.7 0.353 3530 0.09 1.6 255 304 180 361 3 6 8.5 10.0 123 0.15
KL40-03 503.7 506.7 0.343 3430 0.05 1.8 500 196 87 216 2 7 3.5 12.1 141 0.18
KL40-03 506.7 509.7 0.74 7400 0.2 2.8 57 39 190 271 4 10 29 14.9 142 0.13
KL40-03 509.7 512.7 0.5 5000 0.52 1.5 20 25 28 48 2 8 1.8 5.5 81 0.01
KL40-03 512.7 515.7 0.64 6400 0.12 1.7 62 77 58 246 2 14 6.3 7.3 78 0.1
KL40-03 515.7 518.7 2.08 20800 0.63 65 168 9 2420 1260 34 8 1210 4.2 50 2.9
KL40-03 518.7 521.7 0.49 4900 0.23 8.2 88 119 1170 136 9 10 166 11.7 180 0.62
KL40-03 521.7 524.4 1.41 14100 0.59 30.1 114 20 2020 92 12 7 196 4.9 97 0.66
KL40-03 524.4 527.7 2.02 20200 1.22 53 254 8 2250 394 27 7 415 7.0 90 1.12
KL40-03 527.7 530.7 1.26 12600 0.55 22.5 166 17 1950 247 14 10 426 9.0 91 1.02
KL40-03 530.7 533.7 1.32 13200 0.86 34 163 251 2470 450 26 10 350 7.0 168 0.86
KL40-03 533.7 536.3 1.89 18900 1.23 44 32 31 2720 182 29 11 510 7.4 81 1.36
KL40-03 536.3 540.7 1.38 13800 0.97 36.5 72 29 1680 180 31 6 340 8.5 85 1.22
KL40-03 540.7 542.7 0.32 3200 0.4 25.8 55 129 760 102 12 6 182 6.5 64 0.57
KL40-03 542.7 545.7 0.4 4000 0.47 24.7 56 130 700 100 16 7 120 15.4 154 0.44
KL40-03 545.7 548.7 0.48 4800 0.29 6.7 35 127 400 46 12 13 30 8.3 188 0.7
KL40-03 548.7 551.7 0.67 6700 0.41 23.2 50 139 950 98 15 17 78 9.8 206 0.76
KL40-03 551.7 554.7 0.44 4400 0.2 15.6 66 165 280 68 18 8 19.9 9.0 140 0.36



Appendix V - 321 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-03 554.7 557.7 0.45 4500 0.13 12.4 105 115 77 64 18 5 3.5 8.0 204 0.35
KL40-03 557.7 560.7 1.07 10700 0.32 3.7 77 148 94 110 4 13 7.8 11.2 95 0.35
KL40-03 560.7 563.7 0.79 7900 0.33 3.3 70 124 150 48 5 15 16.3 9.5 322 0.31
KL40-03 563.7 566.2 0.73 7300 0.18 4 102 114 97 72 7 18 2.5 8.5 250 0.18
KL40-03 566.2 569.3 0.42 4200 0.28 3.8 65 53 46 67 6 17 60 8.0 69 0.3
KL40-03 569.3 572.4 0.46 4600 0.21 1.5 44 33 10 38 0.01 13 2.2 4.8 73 0.01
KL40-03 572.4 575.5 0.47 4700 0.16 1.1 35 43 6 48 1 14 0.5 6.4 74 0.01
KL40-03 575.5 578.6 0.32 3200 0.11 2 184 218 71 109 3 14 1.3 7.5 95 0.18
KL40-03 578.6 581.7 0.156 1560 0.08 1.3 171 104 31 71 1 12 1.6 6.9 285 0.01
KL40-03 581.7 584.7 0.37 3700 0.04 1.2 106 210 5 127 0.01 12 0.01 7.5 152 0.01
KL40-03 584.7 587.7 0.38 3800 0.04 0.8 201 125 5 329 0.01 10 0.6 7.3 98 0.01
KL40-03 587.7 590.7 0.39 3900 0.62 19.6 880 332 260 148 22 11 24 17.5 91 0.57
KL40-03 590.7 593.7 0.26 2600 0.13 0.9 145 220 17 179 1 8 5.8 6.0 132 0.1
KL40-03 593.7 596.7 0.26 2600 0.05 0.1 207 74 11 161 1 8 1.9 8.5 121 0.1
KL40-03 596.7 599.7 0.2 2000 0.05 0.1 152 103 30 117 0.01 8 8.7 6.3 118 0.01
KL40-03 599.7 602.7 0.191 1910 0.03 0.1 40 30 42 123 0.01 10 2.1 6.7 264 0.1
KL40-03 602.7 605.7 0.3 3000 0.05 1.9 259 132 120 117 1 8 3.1 6.2 107 0.21
KL40-03 605.7 608.7 0.62 6200 0.06 2 147 104 190 261 2 7 4.3 6.5 161 0.18
KL40-03 608.7 611.7 0.31 3100 0.03 0.7 128 65 20 128 0.01 11 0.6 4.8 168 0.1
KL40-03 611.7 614.7 1.24 12400 0.53 3 292 57 8 61 0.01 66 4 25.3 51 0.01
KL40-03 614.7 617.7 0.89 8900 0.4 1.9 94 6 3 240 1 69 0.2 25.8 42 0.01
KL40-03 617.7 620.7 0.182 1820 0.12 0.8 69 7 5 10 0.01 19 0.01 3.5 29 0.01
KL40-03 620.7 623.7 0.078 780 0.05 0.1 54 13 6 5 0.01 7 0.4 1.7 24 0.01
KL40-03 623.7 626.7 0.05 500 0.02 0.1 27 9 3 6 0.01 8 0.01 2.5 24 0.01
KL40-03 626.7 629.7 0.124 1240 0.09 0.1 113 8 7 8 0.01 44 0.8 3.0 50 0.01
KL40-03 629.7 632.7 1.12 11200 0.57 1.5 165 6 18 14 0.01 61 1 14.8 25 0.01
KL40-03 632.7 635.7 1.36 13600 0.96 2.1 214 6 21 23 1 96 3 9.0 30 0.01
KL40-03 635.7 638.7 0.8 8000 0.9 2.8 126 5 4 6 5 47 4.7 7.8 29 0.01
KL40-03 638.7 641.7 0.82 8200 0.75 2.8 105 9 3 4 3 50 0.6 7.5 30 0.01
KL40-03 641.7 644.7 1.04 10400 0.85 2.2 82 1 1 8 0.01 34 0.01 13.8 32 0.01
KL40-03 644.7 647.7 0.34 3400 0.31 0.6 71 7 1 2 0.01 29 0.01 3.8 28 0.01
KL40-03 647.7 650.7 0.68 6800 0.4 0.8 63 8 2 41 0.01 31 0.01 5.8 33 0.01
KL40-03 650.7 653.7 0.77 7700 0.43 1 64 1 3 73 0.01 33 0.01 12.7 26 0.01
KL40-03 653.7 656.7 0.87 8700 0.58 1.3 61 6 1 21 0.01 29 0.01 8.8 28 0.01
KL40-03 656.7 659.7 1.1 11000 0.84 2 136 6 1 7 0.01 36 0.01 6.8 34 0.01
KL40-03 659.7 662.7 1.1 11000 0.72 1.9 127 5 1 1 0.01 46 0.01 8.0 31 0.01
KL40-03 662.7 665.7 0.82 8200 0.78 1.4 98 15 1 38 2 32 0.01 9.8 26 0.01
KL40-03 665.7 668.7 0.75 7500 0.56 1 93 16 1 7 0.01 31 0.01 8.0 31 0.01
KL40-03 668.7 671.7 0.6 6000 0.91 1.6 177 17 2 8 3 36 0.6 10.7 20 0.01
KL40-03 671.7 674.7 0.53 5300 0.65 1.9 180 20 9 5 1 38 3.6 5.0 25 0.01
KL40-03 674.7 677.4 0.157 1570 0.2 0.1 119 11 6 2 2 18 3.4 2.8 20 0.01
KL40-03 677.4 680.5 0.52 5200 0.44 1.4 139 20 10 24 1 42 2.5 8.3 27 0.01
KL40-03 680.5 683.6 1.36 13600 1.4 2.3 111 12 3 15 2 35 0.6 13.5 29 0.01
KL40-03 683.6 686.7 0.48 4800 0.4 1.3 93 16 2 7 0.01 17 0.8 6.4 23 0.01
KL40-03 686.7 689.7 1.06 10600 0.78 2.9 95 16 4 285 1 30 0.8 10.8 43 0.01
KL40-03 689.7 692.7 1.25 12500 1.16 2 127 17 3 243 2 31 0.8 16.5 22 0.01
KL40-03 692.7 695.7 2 20000 1.44 4.5 160 14 4 48 0.01 34 0.3 14.0 39 0.01
KL40-03 695.7 698.7 0.43 4300 0.38 1.4 68 17 6 171 0.01 16 0.01 7.8 48 0.01
KL40-03 698.7 701.7 0.32 3200 0.08 1.1 68 18 2 87 0.01 48 0.2 16.7 54 0.01
KL40-03 701.7 704.7 0.23 2300 0.06 1.2 83 24 4 31 0.01 14 0.7 5.5 54 0.01
KL40-03 704.7 707.7
KL40-03 707.7 710.7
KL40-03 710.7 713.7
KL40-03 713.7 716.7
KL40-03 716.7 719.7
KL40-03 719.7 722.7
KL40-03 722.7 725.7
KL40-03 725.7 728.7
KL40-03 728.7 731.7
KL40-03 731.7 734.7
KL40-03 734.7 737.7
KL40-03 737.7 740.7
KL40-03 740.7 743.7



Appendix V - 322 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-03 743.7 746.9
KL40-03 746.9 749.7
KL40-03 749.7 752.7
KL40-03 752.7 755.7
KL40-03 755.7 758.7
KL40-03 758.7 761.7
KL40-03 761.7 764.7
KL40-03 764.7 767.7
KL40-03 767.7 770.7
KL40-03 770.7 773.7
KL40-03 773.7 776.7
KL40-03 776.7 779.7
KL40-03 779.7 782.7
KL40-03 782.7 785.7
KL40-03 785.7 788.7
KL40-03 788.7 791.7
KL40-03 791.7 794.7
KL40-03 794.7 797.7
KL40-03 797.7 800.7
KL40-03 800.7 803.7
KL40-03 803.7 806.7
KL40-03 806.7 809.7
KL40-03 809.7 812.7
KL40-03 812.7 815.7
KL40-03 815.7 818.7
KL40-03 818.7 821.7
KL40-03 821.7 824.7
KL40-03 824.7 827.7
KL40-03 827.7 830.6
KL40-03 830.6 833.6
KL40-03 833.6 836.7
KL40-03 836.7 839.7
KL40-03 839.7 842.6
KL40-03 842.6 845.6
KL40-03 845.6 848.6
KL40-03 848.6 851.6
KL40-03 851.6 854.6
KL40-03 854.6 857.7
KL40-03 857.7 875.7
KL40-03 875.7 878.7
KL40-03 878.7 881.7
KL40-03 881.7 884.7
KL40-03 884.7 887.7
KL40-03 887.7 890.7
KL40-03 890.7 893.7
KL40-03 893.7 896.7
KL40-03 896.7 899.7
KL40-03 899.7 902.4
KL40-03 902.4 905.4
KL40-03 905.4 908.6
KL40-03 908.6 911.7
KL40-03 911.7 914.7
KL40-03 914.7 917.7
KL40-03 917.7 920.6
KL40-03 920.6 923.6
KL40-03 923.7 926.7
KL40-03 926.7 929.7
KL40-03 929.7 932.5
KL40-04 0 3.2 0.0041 41 0.01 0.1 181 115 7 5 0.01 1 1.9 1.4 14 0.01
KL40-04 3.2 5.5 0.0059 59 0.01 0.1 206 92 7 3 0.01 1 1.3 1.2 13 0.01
KL40-04 5.5 9.8 0.0065 65 0.04 0.8 316 114 10 8 1 1 2.9 1.6 14 0.1
KL40-04 9.8 13.2 0.0037 37 0.04 0.8 428 256 16 5 0.01 1 6 2.2 16 0.13
KL40-04 13.2 15.6 0.0091 91 0.05 2.8 1010 830 50 4 1 1 20.4 5.4 15 0.36



Appendix V - 323 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-04 15.6 18.7 0.0025 25 0.06 0.6 550 191 16 4 0.01 1 6.1 1.3 15 0.43
KL40-04 18.7 21.8 0.0021 21 0.03 0.1 372 210 15 4 0.01 1 3.2 1.2 14 0.11
KL40-04 21.8 24.7 0.0082 82 0.06 1.3 870 1370 23 12 0.01 1 7.8 4.7 22 0.25
KL40-04 24.7 27.9 0.0023 23 0.06 0.7 540 440 18 6 0.01 1 5.3 2.0 17 0.3
KL40-04 27.9 31 0.0033 33 0.02 0.1 332 229 6 3 1 1 2.3 1.2 13 0.01
KL40-04 31 34.3 0.0161 161 0.1 1.5 1110 800 25 27 16 1 8.9 7.5 19 0.19
KL40-04 34.3 37.5 0.0026 26 0.01 0.1 250 121 100 7 1 10 8.1 1.8 8 0.01
KL40-04 37.5 40.2 0.0057 57 0.16 1.5 2170 1420 43 16 1 1 13.7 7.2 17 0.36
KL40-04 40.2 42.5 0.0074 74 0.05 1.2 1630 1160 48 17 10 2 15.7 2.8 12 0.17
KL40-04 42.5 44.5 0.0225 225 0.01 0.1 331 354 54 6 3 11 4.4 3.0 31 0.01
KL40-04 44.5 47.3 0.0225 225 0.03 0.8 240 243 51 7 5 22 5.8 6.2 29 0.01
KL40-04 47.3 51.4 0.0026 26 0.1 0.7 1100 630 24 7 1 1 7.4 4.7 17 0.29
KL40-04 51.4 54.4 0.0131 131 0.01 0.1 600 182 47 79 10 3 9 1.4 22 0.01
KL40-04 54.4 56.5 0.0332 332 0.03 1.6 940 590 130 33 56 4 25 3.1 23 0.01
KL40-04 56.5 59.5 0.0123 123 0.05 0.8 880 315 75 18 7 2 9.5 3.0 29 0.17
KL40-04 59.5 62.1 0.0139 139 0.01 0.1 470 133 54 12 26 1 5.2 2.5 15 0.01
KL40-04 62.1 65.5 0.0068 68 0.1 0.6 840 342 18 9 2 1 5.3 1.8 14 0.1
KL40-04 65.5 68.5 0.0053 53 0.22 0.1 490 217 36 15 4 1 14.4 1.4 15 0.19
KL40-04 68.5 71.5 0.0067 67 0.07 0.6 480 165 26 18 4 1 5.9 0.8 18 0.1
KL40-04 71.5 74.5 0.0059 59 0.03 1.1 770 352 67 75 7 1 14.1 1.6 37 0.18
KL40-04 74.5 77.5 0.0182 182 0.03 2 460 329 37 16 45 1 5.7 2.3 32 0.01
KL40-04 77.5 80.5 0.0093 93 0.01 2.6 203 230 43 81 72 1 2.9 3.4 19 0.14
KL40-04 80.5 83.5 0.0064 64 0.02 1.6 153 208 33 79 48 1 1.9 2.4 25 0.01
KL40-04 83.5 86.5 0.0082 82 0.02 5 200 396 27 13 45 1 4.7 2.8 19 0.01
KL40-04 86.5 89.1 0.0073 73 0.03 1 880 304 39 8 23 1 9.8 3.7 40 0.12
KL40-04 89.1 92.2 0.0046 46 0.02 0.6 500 192 22 11 3 1 6 1.5 35 0.01
KL40-04 92.2 95.2 0.0118 118 0.03 0.8 241 190 24 108 22 2 2.5 1.6 26 0.01
KL40-04 95.2 98.3 0.0304 304 0.15 2.1 1270 540 79 167 24 1 16.3 5.8 32 0.16
KL40-04 98.3 101.4 0.0099 99 0.13 1.8 1870 770 130 28 14 1 28 6.5 32 0.18
KL40-04 101.4 104.5 0.01 100 0.12 4.3 2300 1110 65 23 4 1 18 6.0 18 0.12
KL40-04 104.5 107.5 0.0134 134 0.06 3.7 3450 1900 35 7 1 1 24 6.5 18 0.17
KL40-04 107.5 110.5 0.0209 209 0.06 2.3 2540 730 50 9 4 3 12.4 3.8 22 0.01
KL40-04 110.5 114 0.0394 394 0.08 28 12600 8100 110 32 120 2 24 84.8 24 0.01
KL40-04 114 116.3 0.0037 37 0.04 1 470 400 24 6 2 1 3.3 4.4 25 0.01
KL40-04 116.3 119.3 0.0021 21 0.02 0.8 311 450 33 4 2 3 2.7 1.4 26 0.01
KL40-04 119.3 122.4 0.006 60 0.08 1.2 530 500 57 7 4 1 3.2 1.8 29 0.01
KL40-04 122.4 125.5 0.0146 146 0.08 0.8 257 372 34 12 1 2 2.5 2.1 44 0.01
KL40-04 125.5 128.5 0.0016 16 0.16 0.7 260 277 39 3 1 1 4.3 3.6 25 0.01
KL40-04 128.5 131.5 0.47 4700 0.28 106 42900 110800 970 7 90 3 90 33.0 35 0.93
KL40-04 131.5 134.5 0.0192 192 0.08 6.6 315 600 26 7 186 5 2.9 23.9 19 0.01
KL40-04 134.5 137.5 0.0074 74 0.02 1.2 450 780 27 4 2 1 2.3 3.3 23 0.01
KL40-04 137.5 140.5 0.004 40 0.04 1.2 232 430 67 3 4 1 3.3 5.0 26 0.01
KL40-04 140.5 143.5 0.0262 262 0.06 1.4 1230 650 70 5 5 1 10 5.4 22 0.01
KL40-04 143.5 146.5 0.056 560 0.05 6.6 1930 470 48 8 25 3 4.2 16.0 25 0.01
KL40-04 146.5 149.5 0.0042 42 0.05 0.7 125 111 36 3 3 1 1.3 2.6 17 0.01
KL40-04 149.5 152.5 0.0134 134 0.16 10.4 4090 1630 95 2 46 3 5.6 21.3 27 0.12
KL40-04 152.5 155.5 0.014 140 0.18 1.5 480 126 67 5 14 1 6.8 8.5 24 0.01
KL40-04 155.5 158.5 0.0043 43 0.07 0.5 146 124 38 6 4 1 2.6 3.2 33 0.01
KL40-04 158.5 161.5 0.074 740 0.48 1.7 2000 950 54 1500 7 5 5.3 7.8 107 0.01
KL40-04 161.5 164.5 0.0072 72 0.11 1 256 123 47 11 16 3 2.9 7.9 37 0.01
KL40-04 164.5 167.5 0.0017 17 0.02 0.1 185 148 14 4 1 1 0.9 3.1 19 0.01
KL40-04 167.5 170.5 0.008 80 0.02 0.1 140 72 10 12 2 1 0.9 1.2 21 0.01
KL40-04 170.5 173.5 0.0101 101 0.12 0.1 115 224 42 3 1 1 2.4 3.0 36 0.01
KL40-04 173.5 176.5 0.0086 86 0.11 3.2 1990 1060 58 5 24 2 4 13.8 36 0.01
KL40-04 176.5 179.5 0.0068 68 0.07 0.6 500 540 37 9 7 1 1.6 6.7 33 0.01
KL40-04 179.5 182.5 0.06 600 0.22 0.7 1360 382 160 4 12 5 16.1 24.7 58 0.01
KL40-04 182.5 185.5 0.0201 201 0.09 0.9 2030 510 64 112 4 4 12.1 6.8 135 0.1
KL40-04 185.5 188.5 0.0083 83 0.05 0.1 137 72 24 12 4 4 2.4 3.9 101 0.01
KL40-04 188.5 191.5 0.0182 182 0.05 0.1 169 67 27 98 2 2 3.1 2.4 122 0.01
KL40-04 191.5 194.5 0.0215 215 0.05 0.1 171 81 26 12 1 1 2.4 2.3 72 0.01
KL40-04 194.5 197.5 0.0217 217 0.04 0.1 145 94 11 15 0.01 1 1.3 2.2 60 0.01
KL40-04 197.5 200.5 0.0394 394 0.09 1.3 490 400 21 36 4 2 8 1.3 123 0.01
KL40-04 200.5 203.5 1.27 12700 0.75 5.4 780 295 4500 38 7 14 145 25.0 160 0.18



Appendix V - 324 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-04 203.5 206.5 0.72 7200 0.44 5 287 317 2250 332 14 19 80 20.0 103 0.01
KL40-04 206.5 209.5 0.142 1420 0.27 1.7 386 138 560 296 2 5 22 4.5 270 0.01
KL40-04 209.5 212.5 0.67 6700 0.54 1.8 1050 117 2500 830 2 4 65 4.4 215 0.01
KL40-04 212.5 215.5 0.343 3430 0.62 1.2 133 75 1180 2050 3 7 35 6.5 243 0.01
KL40-04 215.5 218.5 0.505 5050 0.52 1 268 77 1690 1320 2 3 55 6.0 176 0.1
KL40-04 218.5 221.5 0.59 5900 0.4 2.8 760 175 2030 805 6 4 65 10.8 195 0.1
KL40-04 221.5 224.5 0.523 5230 0.18 3 88 72 1710 892 2 6 65 11.0 103 0.01
KL40-04 224.5 227.5 0.162 1620 0.28 1.3 161 47 380 739 2 24 21.6 19.0 160 0.01
KL40-04 227.5 230.5 0.192 1920 0.34 2.6 850 141 280 1500 2 9 26 7.2 115 0.12
KL40-04 230.5 233.1 0.119 1190 0.26 2.5 640 91 69 850 2 3 8.7 6.0 98 0.01
KL40-04 233.1 236.2 0.085 850 0.17 1.4 690 118 80 16 3 1 1.7 7.8 16 0.01
KL40-04 236.2 239.5 0.141 1410 0.42 2.7 1330 680 98 1550 3 5 4.8 7.9 178 0.11
KL40-04 239.5 242.5 0.08 800 0.16 2.4 1420 690 51 529 2 3 3.8 6.6 105 0.01
KL40-04 242.5 245.5 0.164 1640 0.27 4.4 2870 1530 120 492 4 6 6.5 25.0 150 0.1
KL40-04 245.5 248.5 0.114 1140 0.32 3.7 2470 970 100 470 2 5 5.5 16.8 148 0.11
KL40-04 248.5 251.5 0.041 410 0.16 1.5 430 382 31 386 1 5 3.8 8.9 76 0.01
KL40-04 251.5 254.5 0.082 820 0.24 2.3 860 372 90 124 2 6 4.1 12.9 123 0.01
KL40-04 254.5 257.5 0.119 1190 0.64 6.1 10200 2600 230 738 4 8 23.1 23.0 108 0.34
KL40-04 257.5 260.5 0.077 770 0.11 14.5 367 341 130 305 35 3 4 12.5 25 0.01
KL40-04 260.5 262.5 3.7 37000 1.87 17.4 15400 7000 450 423 290 42 400 40.0 117 1.44
KL40-04 262.5 266.5 0.63 6300 1 11.3 11400 1160 100 500 256 34 15.1 27.3 26 0.6
KL40-04 266.5 269.5 0.139 1390 0.36 8.9 710 420 61 312 38 6 4.3 7.0 25 0.01
KL40-04 269.5 272.5 0.0287 287 0.19 9.2 480 400 36 330 70 2 2.2 6.5 21 0.01
KL40-04 272.5 275.5 0.0382 382 0.55 4.7 3400 950 64 385 16 4 6.4 8.9 25 0.12
KL40-04 275.5 278.5 0.0123 123 0.04 2.1 87 156 31 38 14 1 1.7 5.3 19 0.01
KL40-04 278.5 281.5 0.0319 319 0.21 4.5 1290 389 42 157 13 2 3.4 7.8 23 0.01
KL40-04 281.5 284.3 0.041 410 0.18 11.6 1060 1000 48 320 40 3 6.6 13.1 20 0.01
KL40-04 284.3 287.5 0.0307 307 0.29 8.8 1830 2600 100 200 32 1 4.8 11.6 22 0.14
KL40-04 287.5 290.3 0.0183 183 0.06 3.3 201 186 43 245 19 1 2 7.2 32 0.01
KL40-04 290.3 293.4 0.089 890 0.1 10.4 570 409 37 299 38 4 0.9 11.7 32 0.01
KL40-04 293.4 296.3 0.123 1230 0.18 21.9 560 490 88 217 56 11 2.4 13.5 30 0.01
KL40-04 296.3 299.5 0.0118 118 0.12 3.7 211 295 44 64 25 1 1.8 5.8 32 0.01
KL40-04 299.5 302.5 0.0101 101 0.06 3.9 137 243 31 40 21 1 1.3 4.0 28 0.01
KL40-04 302.5 305.7 0.0147 147 0.07 5.1 610 520 42 39 30 1 3 9.1 25 0.01
KL40-04 305.7 308.4 0.0072 72 0.07 2.2 470 480 29 27 9 1 1.3 5.5 20 0.01
KL40-04 308.4 311.3 0.0115 115 0.03 0.7 197 157 9 22 3 1 0.6 2.9 11 0.01
KL40-04 311.3 314.5 0.09 900 0.15 0.9 520 348 22 22 3 1 1.5 7.4 14 0.01
KL40-04 314.5 317.5 0.0131 131 0.02 0.1 243 130 10 11 1 1 0.6 2.8 10 0.01
KL40-04 317.5 320.5 0.158 1580 0.06 1.8 1380 880 51 8 3 1 10.9 9.6 12 0.01
KL40-04 320.5 323.5 0.0154 154 0.03 1 287 750 19 6 2 1 0.8 8.8 12 0.01
KL40-04 323.5 326.5 0.0034 34 0.02 0.8 184 600 10 7 2 1 0.7 10.9 16 0.01
KL40-04 326.5 329.9 0.0229 229 0.06 3.9 1570 1860 26 10 22 1 2.2 13.9 20 0.01
KL40-04 329.9 332.5 0.0175 175 0.05 2 880 356 30 82 8 1 1.6 12.2 19 0.01
KL40-04 332.5 335.5 0.065 650 0.07 2.3 870 312 42 12 10 1 2.9 12.7 13 0.01
KL40-04 335.5 338.5 0.06 600 0.06 5.4 570 610 55 44 12 1 5.6 12.0 13 0.01
KL40-04 338.5 341.5 0.084 840 0.08 3 1140 570 100 16 4 1 6.8 10.0 18 0.01
KL40-04 341.5 344.2 0.0346 346 0.06 1.1 262 120 54 12 2 1 1.2 6.3 15 0.01
KL40-04 344.2 347.3 0.184 1840 0.59 7.6 5900 1380 140 2030 7 5 5.8 13.0 161 0.3
KL40-04 347.3 352.1 0.144 1440 0.29 1.9 1320 318 98 24 4 1 1.2 17.4 16 0.01
KL40-04 352.1 356.5 0.091 910 0.18 3.5 760 289 140 12 44 1 1.6 12.6 8 0.01
KL40-04 356.5 359.5 0.175 1750 0.36 3.4 750 236 37 17 58 4 1.4 12.5 16 0.01
KL40-04 359.5 362.6 0.25 2500 0.31 1.6 690 70 44 5 5 3 1.1 8.2 20 0.01
KL40-04 362.6 365.5 0.378 3780 0.29 1.4 510 50 31 4 3 14 2.6 6.3 22 0.01
KL40-04 365.5 368.5 0.415 4150 0.4 1.2 340 30 48 11 2 11 2.6 6.9 22 0.01
KL40-04 368.5 371.5 1 10000 1.29 3.8 314 25 39 8 2 19 1.7 15.6 20 0.01
KL40-04 371.5 374.5 1.04 10400 0.35 1.4 128 26 25 91 74 14 11 17.4 29 0.01
KL40-04 374.5 377.5 0.407 4070 0.17 0.8 152 24 27 700 6 17 3.7 3.0 27 0.01
KL40-04 377.5 380.5 1.42 14200 0.52 1.5 251 143 3 93 3 16 1.8 8.0 36 0.01
KL40-04 380.5 382.7 0.154 1540 0.15 0.8 232 158 54 27 0.01 7 1.3 4.8 24 0.01
KL40-04 382.7 385.4 0.18 1800 0.11 0.7 158 37 42 20 0.01 5 0.8 2.8 18 0.01
KL40-04 385.4 388.2 0.141 1410 0.11 0.9 143 36 33 100 3 5 2 7.5 35 0.01
KL40-04 388.2 392.5 0.23 2300 0.15 0.9 81 24 16 107 1 8 1.2 8.7 30 0.01
KL40-04 392.5 395.5 0.27 2700 0.08 0.8 59 17 17 39 0.01 6 1.6 4.6 16 0.01



Appendix V - 325 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-04 395.5 398.5 0.23 2300 0.21 0.7 244 37 23 19 0.01 7 2.1 4.1 28 0.01
KL40-04 398.5 401 0.075 750 0.06 0.6 160 18 19 21 0.01 6 0.9 1.4 30 0.01
KL40-04 401 404.5 0.38 3800 0.14 0.8 200 33 4 104 1 11 0.4 3.9 22 0.01
KL40-04 404.5 407.5 0.55 5500 0.27 3.5 4160 600 39 127 2 16 3.4 7.2 40 0.01
KL40-04 407.5 410.5 0.416 4160 0.15 4.6 1650 3610 59 75 4 9 5.2 4.0 31 0.01
KL40-04 410.5 413.2 0.69 6900 0.29 1.5 76 31 11 103 1 12 1.1 5.2 10 0.01
KL40-04 413.2 416.5 0.3 3000 0.15 0.7 98 28 11 43 0.01 11 0.5 3.2 18 0.01
KL40-04 416.5 419.5 0.468 4680 0.14 0.8 1580 16 36 56 5 21 2.2 6.6 20 0.01
KL40-04 419.5 422.2 1.81 18100 0.53 2 2380 11 4 13 1 51 1.1 18.5 16 0.01
KL40-04 422.2 425.3 0.403 4030 0.3 1.2 186 14 19 20 0.01 24 0.6 4.6 21 0.01
KL40-04 425.3 428.6 0.32 3200 0.15 0.8 88 34 10 24 0.01 11 0.4 3.9 14 0.01
KL40-04 428.6 431.6 0.74 7400 0.38 1.5 440 34 16 18 3 22 1 5.0 20 0.01
KL40-04 431.6 434.5 0.68 6800 0.36 1.3 850 49 25 63 0.01 29 1.8 9.4 24 0.01
KL40-04 434.5 437.1 0.57 5700 0.2 1 167 13 11 56 0.01 21 2 2.0 17 0.01
KL40-04 437.1 440.5 0.93 9300 0.32 2 1850 28 16 10 3 25 1.5 5.4 23 0.01
KL40-04 440.5 442.5 0.68 6800 0.34 1.8 347 18 25 5 11 16 2.2 3.6 18 0.01
KL40-04 442.5 445.1 0.61 6100 0.51 2.7 1290 355 34 5 1 9 2.1 3.0 17 0.01
KL40-04 445.1 448 0.115 1150 0.12 0.9 1100 326 23 3 0.01 5 1.3 0.8 11 0.01
KL40-04 448 450.9 0.22 2200 0.15 0.7 640 58 21 4 0.01 6 1 2.6 10 0.01
KL40-04 450.9 452.3 0.54 5400 0.35 1.7 760 166 50 3 3 14 5.7 12.2 22 0.01
KL40-04 452.3 455.4 0.91 9100 0.95 2.4 1970 239 44 7 5 25 7.8 13.5 50 0.01
KL40-04 455.4 459.1 0.79 7900 1.04 1.3 450 80 12 4 4 35 1.3 7.8 36 0.01
KL40-04 459.1 461.5 0.32 3200 0.26 1.3 1010 490 9 21 2 7 1.2 5.5 19 0.01
KL40-04 461.5 463.7 0.33 3300 0.29 3.8 1170 1210 19 26 7 7 2.2 3.4 21 0.01
KL40-04 463.7 466.8 0.172 1720 0.43 1.1 159 63 21 43 0.01 7 1.4 3.1 8 0.01
KL40-04 466.8 470 0.348 3480 0.28 1 225 259 15 114 0.01 10 0.7 2.5 12 0.01
KL40-04 470 473.1 0.421 4210 0.39 1 420 630 17 17 0.01 7 0.7 2.9 21 0.01
KL40-04 473.1 476.2 0.22 2200 0.24 0.8 160 108 14 21 1 7 0.6 2.7 38 0.01
KL40-04 476.2 478.9 0.18 1800 0.14 0.1 167 379 11 6 0.01 5 0.7 2.6 39 0.01
KL40-04 478.9 482.1 0.173 1730 0.15 0.9 1850 1810 8 24 1 6 1.1 3.4 74 0.01
KL40-04 482.1 485.2 0.29 2900 0.26 0.8 178 98 7 9 1 7 1 3.0 76 0.01
KL40-04 485.2 488.3 0.23 2300 0.23 0.6 113 56 7 8 1 7 0.6 2.8 76 0.01
KL40-04 488.3 491.4 0.43 4300 0.18 1 181 298 7 18 0.01 6 0.7 4.2 70 0.01
KL40-04 491.4 494.5 0.385 3850 0.2 1.2 302 221 7 13 1 8 1.6 4.6 61 0.01
KL40-04 494.5 497 0.544 5440 0.1 3.2 128 46 180 8 27 5 120 24.0 66 0.01
KL40-04 497 500.5 0.19 1900 0.13 1.8 131 106 18 85 8 14 9.3 23.9 83 0.01
KL40-04 500.5 503.4 0.154 1540 0.18 2 32 21 4 14 7 5 1.3 2.7 61 0.01
KL40-04 503.4 506.5 0.096 960 0.1 1.2 67 123 5 12 2 5 0.6 2.1 57 0.01
KL40-04 506.5 509.2 0.086 860 0.07 0.9 283 228 4 15 1 4 0.7 1.3 70 0.01
KL40-04 509.2 512.2 0.058 580 0.04 0.8 34 30 2 25 2 6 0.6 1.8 86 0.01
KL40-04 512.2 515.6 0.23 2300 0.15 1.4 66 51 8 41 7 5 2.6 3.9 57 0.01
KL40-04 515.6 518.5 0.07 700 0.03 0.6 126 216 5 27 0.01 5 0.8 0.7 112 0.01
KL40-04 518.5 521.5 0.075 750 0.04 0.1 71 38 2 16 0.01 6 0.3 2.0 97 0.01
KL40-04 521.5 524.5 0.112 1120 0.08 0.6 57 34 3 131 0.01 5 0.6 1.1 93 0.01
KL40-04 524.5 527.5 0.179 1790 0.06 1.3 25 19 3 600 7 3 1 2.5 108 0.01
KL40-04 527.5 530.3 0.083 830 0.03 1 40 21 2 39 1 6 0.5 1.1 79 0.01
KL40-04 530.3 533.4 0.115 1150 0.03 0.9 45 29 1 92 2 4 0.01 1.4 129 0.01
KL40-04 533.4 536.5 0.097 970 0.04 1 88 76 1 296 5 5 0.5 1.2 94 0.01
KL40-04 536.5 539 0.141 1410 0.08 1.4 104 54 2 330 3 3 2.3 1.8 112 0.01
KL40-04 539 543.6 0.104 1040 0.11 0.7 72 49 37 186 5 13 9.8 12.4 101 0.01
KL40-04 543.6 547.7 0.139 1390 0.07 1 85 50 21 144 5 6 7.2 6.1 121 0.01
KL40-04 547.7 550.8 0.199 1990 0.04 1.8 43 27 4 150 4 7 1.5 3.0 87 0.01
KL40-04 550.8 554 0.175 1750 0.09 1.1 59 44 4 16 2 4 0.8 1.9 132 0.01
KL40-04 554 556.7 0.406 4060 0.15 1.5 71 55 15 23 4 4 2.6 1.4 129 0.01
KL40-04 556.7 560.3 0.134 1340 0.05 0.1 13 24 64 181 1 5 7.8 1.3 189 0.01
KL40-04 560.3 563.6 0.045 450 0.08 0.1 24 20 20 81 1 3 3 1.6 134 0.01
KL40-04 563.6 566.5 0.061 610 0.08 0.1 35 29 56 57 1 3 5.1 1.5 176 0.01
KL40-04 566.5 569.5 0.043 430 0.04 0.1 17 13 93 46 0.01 8 6.3 1.7 174 0.01
KL40-04 569.5 572.5 0.103 1030 0.1 0.1 24 23 89 42 1 1 6.5 1.7 93 0.01
KL40-04 572.5 575.5 0.405 4050 0.11 0.1 29 18 150 18 1 2 25 1.4 180 0.01
KL40-04 575.5 578.5 0.19 1900 0.11 0.1 48 46 180 62 1 2 40 2.2 100 0.01
KL40-04 578.5 581.5 0.247 2470 0.07 0.1 65 24 320 39 1 2 32 1.8 103 0.01
KL40-04 581.5 584.5 0.11 1100 0.04 0.1 37 22 26 64 0.01 1 3.9 2.7 181 0.01



Appendix V - 326 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-04 584.5 587.5 0.058 580 0.07 0.1 155 88 81 97 1 3 6 4.4 158 0.01
KL40-04 587.5 590.1 1.83 18300 1.03 14.2 3390 3010 5800 44 4 3 274 5.0 170 0.23
KL40-04 590.1 593.1 0.133 1330 0.25 0.8 1050 440 270 54 1 3 21 3.6 72 0.01
KL40-04 593.1 596 0.043 430 0.07 0.1 76 59 53 35 0.01 2 6 2.8 177 0.01
KL40-04 596 599.5 0.0164 164 0.03 0.1 73 30 20 22 1 1 5.1 5.1 147 0.01
KL40-04 599.5 602.8 0.014 140 0.02 0.1 34 14 13 53 0.01 1 2.3 7.0 87 0.01
KL40-04 602.8 605.7 0.0365 365 0.02 0.1 21 8 5 1010 0.01 2 1.1 8.1 98 0.01
KL40-04 605.7 609.6 0.0235 235 0.01 0.1 14 6 4 830 0.01 1 1 3.9 62 0.01
KL40-04 609.6 613.5 0.0112 112 0.01 0.1 116 152 4 80 0.01 1 0.8 2.1 98 0.01
KL40-04 613.5 617.5 0.0125 125 0.03 0.1 15 12 7 131 0.01 2 1.6 2.2 57 0.01
KL40-04 617.5 620.5 0.0285 285 0.03 0.1 28 26 42 120 1 1 4.3 3.1 175 0.01
KL40-04 620.5 623.5 0.0182 182 0.02 0.1 18 8 7 53 0.01 1 1 4.6 94 0.01
KL40-04 623.5 626.5 0.0287 287 0.01 0.1 15 15 12 40 0.01 1 1.6 1.4 148 0.01
KL40-04 626.5 629.5 0.061 610 0.03 0.1 23 12 100 40 0.01 3 29 2.2 78 0.01
KL40-04 629.5 632.5 0.0305 305 0.03 0.1 22 10 16 49 0.01 1 19 2.0 151 0.01
KL40-04 632.5 635.5 0.116 1160 0.03 0.9 69 22 220 41 1 1 3.5 1.9 64 0.01
KL40-04 635.5 638.5 0.067 670 0.01 1 30 9 180 50 1 3 13.1 1.0 165 0.01
KL40-04 638.5 641.5 0.089 890 0.01 0.7 15 6 160 47 0.01 1 6 1.4 85 0.01
KL40-04 641.5 644.5 0.127 1270 0.03 0.1 17 19 300 160 1 1 8.9 1.6 89 0.01
KL40-04 644.5 646.6 0.089 890 0.02 0.6 9 6 270 326 0.01 1 6.6 1.8 110 0.01
KL40-04 646.6 649.1 0.0344 344 0.02 0.1 8 5 57 95 0.01 1 2.9 0.8 151 0.01
KL40-04 649.1 653.5 0.0214 214 0.02 0.1 71 9 36 45 0.01 2 3.4 1.1 188 0.01
KL40-04 653.5 656.5 0.0176 176 0.01 0.1 14 5 17 30 0.01 1 1.5 1.3 146 0.01
KL40-04 656.5 659.5 0.0164 164 0.01 0.1 17 5 29 31 0.01 3 2.4 6.2 183 0.01
KL40-04 659.5 662.5 0.0091 91 0.01 0.1 7 7 14 27 0.01 3 0.7 3.1 142 0.01
KL40-04 662.5 665.5 0.0359 359 0.01 0.1 16 1 120 123 0.01 4 3.4 2.3 165 0.01
KL40-04 665.5 668.5 0.062 620 0.03 0.1 229 16 150 39 1 3 8.7 2.5 124 0.01
KL40-04 668.5 671.5 0.044 440 0.01 0.1 32 7 56 70 1 1 3.4 0.6 236 0.01
KL40-04 671.5 674.5 0.0118 118 0.02 0.1 12 1 9 54 0.01 2 1.2 2.4 189 0.01
KL40-04 674.5 677.5 0.0166 166 0.01 0.1 9 5 4 75 0.01 2 0.8 1.4 86 0.01
KL40-04 677.5 680.5 0.0113 113 0.01 0.1 31 1 10 87 0.01 1 1 1.9 100 0.01
KL40-04 680.5 683 0.0086 86 0.01 0.1 21 5 7 25 0.01 1 0.9 2.4 139 0.01
KL40-04 683 686.1 0.0134 134 0.01 0.1 12 6 8 31 0.01 3 1.2 1.8 185 0.01
KL40-04 686.1 689.2 0.0087 87 0.01 0.1 6 6 6 101 0.01 4 1 2.6 132 0.01
KL40-04 689.2 692.3 0.0128 128 0.01 0.1 27 10 2 82 0.01 5 0.4 3.8 87 0.01
KL40-04 692.3 695.4 0.0334 334 0.01 0.1 7 1 5 22 0.01 4 1.2 3.5 63 0.01
KL40-04 695.4 698.6 0.0135 135 0.01 0.1 7 6 10 23 0.01 1 1.8 3.4 67 0.01
KL40-04 698.6 701.5 0.0044 44 0.01 0.1 4 5 1 227 0.01 1 0.6 0.8 125 0.01
KL40-04 701.5 704.5 0.007 70 0.01 0.1 8 7 0.01 270 0.01 1 0.9 1.5 175 0.01
KL40-04 704.5 707.5 0.114 1140 0.01 0.1 40 14 0.01 61 0.01 1 0.6 0.8 118 0.01
KL40-04 707.5 710.5 0.0104 104 0.01 0.1 13 7 10 40 0.01 1 1.4 3.4 118 0.01
KL40-04 710.5 713.5 0.08 800 0.07 0.6 163 106 160 49 0.01 1 17.3 1.9 84 0.01
KL40-04 713.5 716.5 0.0058 58 0.01 0.1 15 6 4 35 0.01 1 0.7 0.8 125 0.01
KL40-04 716.5 719.3 0.047 470 0.01 0.1 14 6 3 52 1 1 1 2.3 100 0.01
KL40-04 719.3 722.4 0.084 840 0.01 0.1 8 8 0.01 43 0.01 1 0.5 1.1 96 0.01
KL40-04 722.4 725.5 0.041 410 0.01 0.1 4 6 33 29 0.01 1 3.8 0.7 106 0.01
KL40-04 725.5 728.2 0.0256 256 0.01 0.1 5 7 15 32 0.01 1 2.4 1.5 134 0.01
KL40-04 728.2 731.7 0.041 410 0.01 0.1 6 8 12 32 0.01 1 1.6 0.8 170 0.01
KL40-04 731.7 734.6 0.0069 69 0.01 0.1 5 6 6 31 0.01 1 1.1 1.1 157 0.01
KL40-04 734.6 737.4 0.0146 146 0.01 0.1 5 7 5 60 0.01 1 1.2 0.5 141 0.01
KL40-04 737.4 740.5 0.0188 188 0.01 0.1 5 8 4 63 0.01 1 0.9 0.9 125 0.01
KL40-04 740.5 743.5 0.0262 262 0.01 0.1 4 7 2 47 0.01 1 0.4 1.9 133 0.01
KL40-04 743.5 746.5 0.0398 398 0.01 0.1 23 22 0.01 90 0.01 1 0.6 1.6 132 0.01
KL40-04 746.5 749.5 0.0321 321 0.01 0.1 4 7 1 86 0.01 1 0.6 0.8 142 0.01
KL40-04 749.5 752.5 0.0189 189 0.01 0.1 8 7 7 50 0.01 1 0.4 1.8 125 0.01
KL40-04 752.5 755.5 0.069 690 0.01 0.1 9 8 8 40 0.01 1 2.1 1.7 63 0.01
KL40-04 755.5 758.5 0.141 1410 0.03 0.1 55 17 4 70 0.01 1 0.6 1.5 130 0.01
KL40-04 758.5 761.5 0.128 1280 0.01 0.1 44 21 5 66 0.01 1 0.6 1.0 125 0.01
KL40-04 761.5 764.5 0.0322 322 0.01 0.1 11 9 5 58 0.01 1 1 1.7 135 0.01
KL40-04 764.5 767.5 0.0327 327 0.01 0.1 8 12 1 150 0.01 1 0.4 1.9 123 0.01
KL40-04 767.5 770.5 0.083 830 0.01 0.1 37 21 8 56 0.01 1 0.6 2.0 115 0.01
KL40-04 770.5 773.5 0.136 1360 0.01 0.1 12 10 4 50 0.01 1 0.7 1.5 65 0.01
KL40-04 773.5 776.5 0.045 450 0.01 0.1 19 16 4 72 0.01 1 0.7 2.0 96 0.01



Appendix V - 327 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-04 776.5 779.5 0.0104 104 0.01 0.1 4 8 18 100 0.01 1 0.8 3.2 55 0.01
KL40-04 779.5 782.5 0.0098 98 0.01 0.1 20 42 10 40 1 8 0.7 9.4 123 0.01
KL40-04 782.5 785.5 0.0089 89 0.01 0.1 22 41 13 297 1 6 0.6 4.9 124 0.01
KL40-04 785.5 788.5 0.0255 255 0.01 0.1 23 38 27 60 1 10 1.6 6.1 142 0.01
KL40-04 788.5 791.5 0.069 690 0.01 0.1 52 32 13 60 0.01 2 0.8 2.0 114 0.01
KL40-04 791.5 794.5 0.049 490 0.01 0.1 38 29 13 121 0.01 4 0.8 3.3 135 0.01
KL40-04 794.5 797.5 0.015 150 0.01 0.1 12 13 9 34 0.01 2 0.6 2.9 95 0.01
KL40-04 797.5 800.5 0.0257 257 0.01 0.1 42 24 0.01 80 0.01 1 0.4 2.7 123 0.01
KL40-04 800.5 803.5 0.023 230 0.01 0.1 17 13 1 61 0.01 3 0.4 2.4 124 0.01
KL40-04 803.5 806.5 0.0183 183 0.01 0.1 16 15 4 47 0.01 3 0.6 2.5 143 0.01
KL40-04 806.5 809.1 0.0174 174 0.01 0.1 11 10 2 60 0.01 3 0.3 2.3 123 0.01
KL40-05 0 4.5 0.0006 6 0.01 0.1 184 165 7 2 0.01 1 2.9 1.0 13 0.01
KL40-05 4.5 7.4 0.0006 6 0.02 0.1 212 118 6 4 0.01 1 4.4 1.4 16 0.01
KL40-05 7.4 10.3 0.005 50 0.05 3.2 890 580 18 2 2 1 16 6.3 14 0.01
KL40-05 10.3 13.7 0.0008 8 0.03 1 420 107 9 2 0.01 1 5.9 3.5 16 0.01
KL40-05 13.7 16.7 0.0016 16 0.14 1.2 920 429 23 3 0.01 1 9.5 14.3 20 0.01
KL40-05 16.7 19.7 0.0141 141 0.05 3 700 550 51 7 3 1 26 4.8 21 0.16
KL40-05 19.7 22.7 0.0012 12 0.05 0.9 460 377 20 3 0.01 1 4 2.5 22 0.01
KL40-05 22.7 25.5 0.0005 5 0.04 0.7 337 164 10 1 0.01 1 2.3 3.8 20 0.01
KL40-05 25.5 28.7 0.0024 24 0.05 1.4 1200 1550 30 1 0.01 3 13.3 2.0 20 0.13
KL40-05 28.7 31.7 0.0057 57 0.02 1 335 256 27 3 2 3 2.1 5.5 21 0.01
KL40-05 31.7 33.7 0.0039 39 0.01 0.6 132 120 8 1 1 2 1.2 1.5 19 0.01
KL40-05 33.7 36.7 0.002 20 0.01 0.6 206 183 10 5 1 1 2.8 1.3 16 0.01
KL40-05 36.7 39.8 0.003 30 0.04 0.8 105 124 18 3 2 2 1.5 3.0 19 0.01
KL40-05 39.8 42.1 0.0036 36 0.06 5 250 790 19 17 134 9 2.6 56.0 17 0.01
KL40-05 42.1 45 0.0028 28 0.01 0.8 299 540 12 6 4 3 1.8 5.5 28 0.01
KL40-05 45 49.3 0.0043 43 0.01 0.7 174 167 14 6 1 2 2 3.0 21 0.01
KL40-05 49.3 51.9 0.0034 34 0.02 2.9 520 1860 19 3 1 1 22 8.3 18 0.01
KL40-05 51.9 55.4 0.0029 29 0.22 4.8 1520 2200 62 4 2 3 15.4 16.0 31 0.45
KL40-05 55.4 59.6 0.0047 47 0.15 6.4 1440 1390 23 4 12 1 5.8 17.4 27 0.1
KL40-05 59.6 61.7 0.0054 54 0.07 3.3 3950 2300 20 7 3 1 14.5 5.5 19 0.12
KL40-05 61.7 64.7 0.001 10 0.03 1.5 480 990 12 3 1 1 3.7 3.8 13 0.01
KL40-05 64.7 67.7 0.0007 7 0.03 2.2 790 2090 13 5 0.01 1 9.8 4.8 16 0.01
KL40-05 67.7 70.7 0.0004 4 0.05 1.2 302 520 8 4 0.01 1 2.9 2.0 12 0.01
KL40-05 70.7 73.7 0.0026 26 0.02 1 241 357 7 7 0.01 1 1.9 1.8 12 0.01
KL40-05 73.7 76.7 0.0035 35 0.01 1.6 940 1170 8 2 0.01 1 2.4 3.0 11 0.01
KL40-05 76.7 79.7 0.0011 11 0.01 1.3 240 890 8 1 0.01 1 2.9 3.0 10 0.01
KL40-05 79.7 81.7 0.0021 21 0.04 1.6 420 770 6 1 0.01 1 2.8 2.3 12 0.01
KL40-05 81.7 84.9 0.0008 8 0.06 1.7 430 830 7 1 0.01 1 2.2 1.5 13 0.01
KL40-05 84.9 88.1 0.008 80 0.07 7.6 4300 5500 14 1 0.01 1 13.8 8.0 11 0.01
KL40-05 88.1 90.9 0.0044 44 0.04 2.8 337 1350 12 6 0.01 1 14 5.8 14 0.01
KL40-05 90.9 94.2 0.0085 85 0.03 1.3 306 420 8 1 0.01 1 1.8 0.8 13 0.01
KL40-05 94.2 96.5 0.0024 24 0.02 1.6 430 820 7 1 0.01 1 2.1 2.5 11 0.01
KL40-05 96.5 99.1 0.0045 45 0.02 2.5 530 840 13 1 0.01 1 8.9 1.5 10 0.01
KL40-05 99.1 102.3 0.0005 5 0.01 0.8 281 302 9 1 0.01 1 1.3 1.8 13 0.01
KL40-05 102.3 105.9 0.0007 7 0.08 1.3 320 253 7 2 0.01 1 2.1 3.5 14 0.01
KL40-05 105.9 108.6 0.0006 6 0.04 1.3 381 346 9 3 0.01 1 1.4 1.3 13 0.01
KL40-05 108.6 110.9 0.0032 32 0.08 3.9 950 2350 16 6 0.01 1 7 15.0 16 0.01
KL40-05 110.9 114.9 0.0007 7 0.02 1 430 349 12 2 0.01 1 1.3 2.2 16 0.01
KL40-05 114.9 117.4 0.0017 17 0.01 1 328 229 8 4 0.01 1 0.6 1.3 12 0.01
KL40-05 117.4 121.2 0.0022 22 0.01 1.2 262 470 9 2 0.01 1 1.1 2.0 15 0.01
KL40-05 121.2 123.4 0.0034 34 0.04 5.2 2300 4700 22 4 0.01 1 12.1 5.5 16 0.01
KL40-05 123.4 127 0.0003 3 0.03 1 420 249 12 2 0.01 1 1.4 2.3 15 0.01
KL40-05 127 129.9 0.0038 38 0.02 0.8 560 361 13 6 1 1 1.3 2.5 22 0.01
KL40-05 129.9 133.6 0.0026 26 0.03 1.6 810 670 16 4 0.01 1 3.3 3.3 19 0.01
KL40-05 133.6 136.7 0.0008 8 0.01 0.6 410 490 7 3 0.01 1 1.2 1.0 18 0.01
KL40-05 136.7 139.7 0.0193 193 0.03 11.4 7000 5900 47 1 1 1 36 9.3 18 0.15
KL40-05 139.7 145.7 0.74 7400 0.62 2.1 1080 103 160 18 2 17 18 17.8 108 0.01
KL40-05 145.7 148.6 0.0013 13 0.01 1.5 830 610 9 2 0.01 1 1.6 1.3 15 0.01
KL40-05 148.6 151.7 0.0111 111 0.22 46 40000 35000 320 6 4 1 62 36.3 29 0.88
KL40-05 151.7 154.7 0.0014 14 0.02 1.2 630 358 5 6 0.01 1 1.3 1.0 12 0.01
KL40-05 154.7 157.7 0.0012 12 0.01 1.4 750 377 6 3 0.01 1 1.1 1.5 17 0.01
KL40-05 157.7 160.7 0.0082 82 0.01 1.8 660 253 4 2 0.01 1 0.9 1.0 17 0.01



Appendix V - 328 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-05 160.7 163.7 0.0019 19 0.02 3.4 3800 1830 45 2 0.01 1 7.3 4.8 15 0.1
KL40-05 163.7 166 0.0013 13 0.01 1.4 620 650 13 3 0.01 1 1.7 1.1 14 0.01
KL40-05 166 169.7 0.0188 188 0.05 1.7 530 870 20 12 0.01 1 2.9 1.8 17 0.01
KL40-05 169.7 172.2 0.068 680 0.05 1.3 610 383 22 24 2 1 1.4 2.5 24 0.01
KL40-05 172.2 175.5 0.0029 29 0.04 0.8 402 232 16 5 0.01 1 1.3 2.3 24 0.01
KL40-05 175.5 178.7 0.0014 14 0.02 1.2 770 450 21 2 0.01 1 1.5 3.9 17 0.01
KL40-05 178.7 181 0.0004 4 0.01 1.1 213 153 10 1 0.01 1 0.5 1.4 15 0.01
KL40-05 181 184 0.0005 5 0.01 0.5 294 279 9 2 0.01 1 1 2.8 20 0.01
KL40-05 184 186.6 0.0056 56 0.01 1.3 670 700 20 1 0.01 1 2.8 3.0 19 0.01
KL40-05 186.6 189.2 0.001 10 0.02 1 460 810 14 1 0.01 1 1.6 3.3 19 0.01
KL40-05 189.2 191.7 0.0017 17 0.02 1.8 910 1190 17 5 0.01 1 2.4 2.5 16 0.01
KL40-05 191.7 193.7 0.0082 82 0.02 1.4 1240 1330 7 5 0.01 1 2.9 3.0 18 0.01
KL40-05 193.7 196.1 0.003 30 0.02 0.6 386 420 17 3 0.01 1 2.1 1.4 17 0.01
KL40-05 196.1 199.7 0.0046 46 0.01 1.2 1140 650 5 3 0.01 1 1.4 1.8 14 0.01
KL40-05 199.7 202.2 0.0074 74 0.01 1.3 830 770 6 1 0.01 1 1.7 2.0 12 0.01
KL40-05 202.2 205.3 0.0029 29 0.01 0.8 630 620 4 3 0.01 2 1.3 4.3 16 0.01
KL40-05 205.3 208.4 0.0012 12 0.01 0.9 520 610 5 2 0.01 1 1.3 2.5 14 0.01
KL40-05 208.4 211.5 0.0025 25 0.02 2.7 1320 1690 14 1 0.01 1 5 4.8 15 0.01
KL40-05 211.5 214.6 0.0022 22 0.03 1.4 770 780 9 3 0.01 1 2.1 3.3 19 0.01
KL40-05 214.6 217.7 0.001 10 0.01 0.8 391 470 17 1 0.01 1 1.7 2.3 16 0.01
KL40-05 217.7 220.1 0.0011 11 0.01 0.6 353 306 9 3 0.01 2 0.9 1.5 17 0.01
KL40-05 220.1 223.7 0.0008 8 0.01 1.2 366 372 13 2 0.01 1 1.2 1.7 20 0.01
KL40-05 223.7 226.7 0.0341 341 0.02 87 40800 65100 64 2 5 1 100 14.5 18 0.15
KL40-05 226.7 229.7 0.0012 12 0.01 1.2 590 510 8 4 0.01 1 1.2 2.3 23 0.01
KL40-05 229.7 232.7 0.0013 13 0.01 1.4 700 680 17 4 0.01 1 1.8 4.3 20 0.01
KL40-05 232.7 234.8 0.0012 12 0.03 2.3 1190 1430 18 6 0.01 1 3 5.3 17 0.01
KL40-05 234.8 237.9 0.0037 37 0.03 4.7 3600 3300 27 3 0.01 2 6.2 13.5 14 0.01
KL40-05 237.9 240.4 0.0032 32 0.01 2.4 1360 1340 14 20 0.01 1 2.8 2.3 18 0.01
KL40-05 240.4 243.9 0.0012 12 0.01 1.8 830 1090 11 4 0.01 1 2.7 1.8 14 0.01
KL40-05 243.9 247.6 0.0031 31 0.01 7.9 4300 6200 28 3 0.01 1 9 5.3 13 0.01
KL40-05 247.6 250.7 0.0028 28 0.03 4 2400 2200 20 4 0.01 1 4.2 8.0 19 0.01
KL40-05 250.7 254.5 0.0013 13 0.01 4.3 1370 4100 13 3 0.01 1 5.3 4.2 21 0.01
KL40-05 254.5 258.8 0.0096 96 0.15 21.7 24700 15100 110 7 1 1 33 39.8 24 0.37
KL40-05 258.8 262.7 0.0016 16 0.01 0.1 480 253 5 4 0.01 1 1.5 0.8 13 0.01
KL40-05 262.7 265.7 0.0061 61 0.03 9.6 11200 8600 59 4 1 1 11.6 10.5 12 0.16
KL40-05 265.7 268.3 0.0068 68 0.07 7.3 5300 3020 68 7 0.01 1 9.9 9.5 15 0.1
KL40-05 268.3 270.5 0.0023 23 0.04 6.1 6900 3500 91 6 0.01 1 10.9 5.0 13 0.12
KL40-05 270.5 273.9 0.0121 121 0.07 10.1 10800 6600 160 8 0.01 1 19 10.8 16 0.13
KL40-05 273.9 277 0.0021 21 0.01 2.2 1630 1640 9 3 0.01 1 3.7 1.8 17 0.01
KL40-05 277 279.9 0.0023 23 0.01 6.2 6600 5600 12 7 0.01 1 6.1 10.3 12 0.01
KL40-05 279.9 282.7 0.0017 17 0.01 1.2 1680 830 11 10 0.01 1 1.7 3.1 12 0.01
KL40-05 282.7 284.8 0.0038 38 0.01 2.7 3500 3600 9 8 1 1 4.8 6.8 13 0.01
KL40-05 284.8 288.2 0.0028 28 0.01 1 1100 1060 12 23 0.01 1 2 5.5 10 0.01
KL40-05 288.2 291.4 0.0034 34 0.01 1.2 1420 560 7 6 2 2 1.6 3.8 15 0.01
KL40-05 291.4 294.6 0.0035 35 0.01 3.8 8900 4400 13 20 2 1 4.2 6.5 10 0.01
KL40-05 294.6 296.6 0.003 30 0.01 2 1520 1600 10 13 3 1 2.3 6.0 10 0.01
KL40-05 296.6 299.3 0.0068 68 0.01 7.8 3850 9900 12 24 5 1 10.1 22.5 9 0.01
KL40-05 299.3 302.2 0.0044 44 0.04 4 2340 1970 16 44 8 3 3.6 7.8 8 0.01
KL40-05 302.2 305 0.0086 86 0.01 3.9 3050 3340 16 59 3 2 6.5 10.9 18 0.01
KL40-05 305 307.5 0.0059 59 0.01 2.1 1160 1370 8 52 4 1 2.9 8.5 16 0.01
KL40-05 307.5 310.3 0.0037 37 0.01 1.7 460 470 7 43 5 2 1.5 8.0 15 0.01
KL40-05 310.3 313.5 0.0085 85 0.01 1 470 409 14 26 3 1 3.9 3.5 16 0.01
KL40-05 313.5 316.3 0.0345 345 0.04 11.3 1670 1020 98 206 55 1 18.7 17.5 20 0.01
KL40-05 316.3 318.3 0.012 120 0.01 2.2 310 201 27 64 14 1 4.7 7.3 14 0.01
KL40-05 318.3 321.5 0.279 2790 0.26 18.7 2830 1660 890 108 130 2 210 75.0 65 0.1
KL40-05 321.5 324.7 0.055 550 0.03 1.4 368 167 27 138 9 3 4.6 8.5 18 0.01
KL40-05 324.7 328.1 0.045 450 0.03 1 337 140 120 124 7 1 5.1 5.8 21 0.01
KL40-05 328.1 330.5 0.0408 408 0.01 1.7 1540 510 100 60 14 1 13 7.3 17 0.01
KL40-05 330.5 332.7 0.0163 163 0.01 0.8 480 282 25 192 9 1 5.7 4.3 18 0.01
KL40-05 332.7 335.5 0.0092 92 0.01 0.6 540 165 14 186 7 2 2 3.5 24 0.01
KL40-05 335.5 337.7 0.0074 74 0.01 1.1 550 154 18 133 15 2 5.2 5.0 20 0.01
KL40-05 337.7 340.7 0.0173 173 0.14 2.5 310 112 36 73 6 1 3.4 6.5 17 0.01
KL40-05 340.7 343.7 0.071 710 0.01 3.5 1950 298 35 45 18 1 2 7.3 26 0.01



Appendix V - 329 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-05 343.7 346.9 0.0386 386 0.01 1.8 620 236 24 60 9 1 10.8 10.8 19 0.01
KL40-05 346.9 349.4 0.065 650 0.06 4.2 2130 900 98 27 18 2 25 16.0 23 0.01
KL40-05 349.4 351.8 1.24 12400 0.24 17.1 8200 1340 510 48 60 2 20.1 37.0 36 0.13
KL40-05 351.8 353.8 0.131 1310 0.07 2.9 2290 630 80 28 11 2 12.3 8.8 24 0.01
KL40-05 353.8 357.9 0.074 740 0.12 1.8 1830 343 20 27 7 3 2.5 11.8 22 0.01
KL40-05 357.9 361 0.178 1780 0.09 1.1 1630 209 110 17 11 3 1.2 17.9 25 0.01
KL40-05 361 364.1 0.359 3590 0.14 0.8 1140 133 100 13 8 6 0.6 22.4 49 0.01
KL40-05 364.1 367.2 0.199 1990 0.07 0.8 750 28 23 43 4 9 0.2 11.3 56 0.01
KL40-05 367.2 370.3 0.378 3780 0.13 0.9 1120 58 55 16 1 33 3 17.8 67 0.01
KL40-05 370.3 373.4 0.455 4550 0.18 1.5 409 98 40 32 0.01 31 0.9 10.0 51 0.01
KL40-05 373.4 376.5 0.459 4590 0.17 1.1 165 41 11 57 1 19 0.8 20.0 118 0.01
KL40-05 376.5 379.6 0.149 1490 0.08 0.6 127 46 16 21 1 13 1.9 12.3 56 0.01
KL40-05 379.6 382.6 0.66 6600 0.15 1.2 183 23 26 38 0.01 19 1.8 6.8 102 0.01
KL40-05 382.6 385.6 0.58 5800 0.33 0.8 274 52 98 54 4 20 9 7.0 65 0.01
KL40-05 385.6 388.7 0.8 8000 0.31 1 470 35 70 18 0.01 22 1.1 13.8 94 0.01
KL40-05 388.7 391.7 0.67 6700 0.59 2.7 15500 70 190 26 9 32 2.6 21.0 103 0.1
KL40-05 391.7 394.7 0.0017 17 0.02 1.9 580 1420 8 6 0.01 1 3.4 4.0 15 0.01
KL40-05 394.7 397.7 1.2 12000 1.24 3.5 3900 154 320 52 5 32 13.9 45.0 143 0.01
KL40-05 397.7 400.7 1.06 10600 0.46 2.8 900 580 21 30 3 14 2.4 18.0 118 0.01
KL40-05 400.7 403.7 0.441 4410 0.41 2.7 690 254 68 48 4 13 5.8 15.3 138 0.01
KL40-05 403.7 406.7 0.351 3510 0.27 5.8 1050 251 33 33 4 10 2.1 10.5 136 0.01
KL40-05 406.7 409.7 0.454 4540 0.36 6.5 990 382 32 54 8 15 1.2 24.5 129 0.01
KL40-05 409.7 413.6 0.396 3960 0.22 7.3 1340 510 35 42 7 10 1.1 18.8 99 0.01
KL40-05 413.6 415.7 0.353 3530 0.11 7.8 170 131 29 301 15 7 2.1 13.8 56 0.01
KL40-05 415.7 418.7 0.89 8900 0.58 7.1 910 197 78 278 28 15 3 21.5 75 0.1
KL40-05 418.7 421.7 0.61 6100 0.15 2.3 200 97 26 228 2 13 1.4 9.3 28 0.01
KL40-05 421.7 423.8 0.429 4290 0.12 2.2 63 70 870 49 7 10 86 14.8 77 0.01
KL40-05 423.8 426.8 0.69 6900 0.15 4.7 780 371 27 119 7 6 6.9 16.5 105 0.01
KL40-05 426.8 430.7 0.77 7700 0.44 20 9400 4600 87 169 5 18 11.9 27.0 123 0.16
KL40-05 430.7 432.2 0.56 5600 0.38 15.5 5400 3100 82 126 7 21 16.5 41.0 107 0.16
KL40-05 432.2 433.7 0.87 8700 0.53 30 9800 4300 150 116 14 34 15.5 51.0 99 0.3
KL40-05 433.7 436.7 5 50000 2.17 54 4900 1410 150 16 62 40 17.3 42.5 73 0.29
KL40-05 436.7 440.1 1.31 13100 1.24 21.2 1770 610 220 17 26 81 16 71.0 73 0.01
KL40-05 440.1 442.7 1.68 16800 2.2 13.9 279 146 980 13 19 138 71 32.0 38 0.32
KL40-05 442.7 445.6 0.71 7100 1.05 5.3 238 155 360 15 10 40 34 39.0 25 0.21
KL40-05 445.6 448.3 0.288 2880 1.12 2.4 169 128 230 13 14 67 33 56.0 24 0.11
KL40-05 448.3 449.8 0.191 1910 0.69 3.1 490 189 240 9 7 47 33 42.0 31 0.19
KL40-05 449.8 452.8 0.69 6900 0.64 5 710 1080 2600 12 2 21 32 11.3 100 0.51
KL40-05 452.8 456 0.123 1230 0.61 1.6 47 51 48 18 5 71 6.2 50.0 22 0.1
KL40-05 456 458.4 0.098 980 0.36 1.9 73 93 87 99 6 45 6.6 38.0 76 0.01
KL40-05 458.4 460.2 0.083 830 0.53 4.1 75 103 38 10 4 47 7.5 32.5 64 0.01
KL40-05 460.2 462.1 0.147 1470 0.25 1.5 53 100 100 12 8 30 20.4 54.0 52 0.01
KL40-05 462.1 464.3 0.69 6900 0.48 2.1 50 76 760 41 8 28 65 34.5 120 0.01
KL40-05 464.3 466.7 1.29 12900 0.54 2.9 49 37 2070 28 4 22 175 28.0 99 0.01
KL40-05 466.7 469.4 0.205 2050 0.17 1 32 40 360 98 4 24 62 22.5 101 0.01
KL40-05 469.4 473.9 0.471 4710 0.15 0.1 54 40 360 127 3 11 38 9.5 91 0.01
KL40-05 473.9 476.7 0.532 5320 0.16 1.3 27 28 290 123 4 25 28 17.5 61 0.01
KL40-05 476.7 479.7 0.048 480 0.05 0.1 10 21 30 94 1 22 5.1 10.7 127 0.01
KL40-05 479.7 482.7 0.067 670 0.55 0.6 14 13 100 2780 3 28 12.8 25.2 159 0.01
KL40-05 482.7 485.9 0.352 3520 0.09 1 22 14 150 120 2 10 24 8.0 92 0.01
KL40-06 0 2.7
KL40-06 2.7 5.4
KL40-06 5.4 7.1
KL40-06 7.1 11.2
KL40-06 11.2 13.7
KL40-06 13.7 14.7
KL40-06 14.7 17.8
KL40-06 17.8 19.5
KL40-06 19.5 22.5
KL40-06 22.5 25.4
KL40-06 25.4 26.7
KL40-06 26.7 29.7
KL40-06 29.7 32.7



Appendix V - 330 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-06 32.7 35.7
KL40-06 35.7 38.7
KL40-06 38.7 41.7
KL40-06 41.7 44.7
KL40-06 44.7 47.7
KL40-06 47.7 50.7
KL40-06 50.7 53.7
KL40-06 53.7 56.7
KL40-06 56.7 59.7
KL40-06 59.7 62.7
KL40-06 62.7 65.7
KL40-06 65.7 68.7
KL40-06 68.7 71.7
KL40-06 71.7 74.7
KL40-06 74.7 76.1
KL40-06 76.1 77.7
KL40-06 77.7 80.7
KL40-06 80.7 83.7
KL40-06 83.7 86.7
KL40-06 86.7 89.7
KL40-06 89.7 92.7
KL40-06 92.7 95.7
KL40-06 95.7 98.7
KL40-06 98.7 101.7
KL40-06 101.7 104.7
KL40-06 104.7 107.7
KL40-06 107.7 110.7
KL40-06 110.7 113.1
KL40-06 113.1 114.8
KL40-06 114.8 116.7
KL40-06 116.7 119.7
KL40-06 119.7 122.7
KL40-06 122.7 125.7
KL40-06 125.7 127.8
KL40-06 127.8 130.5
KL40-06 130.5 133.1
KL40-06 133.1 134.7
KL40-06 134.7 137.7
KL40-06 137.7 140.7
KL40-06 140.7 143.7
KL40-06 143.7 146.7
KL40-06 146.7 149.7
KL40-06 149.7 150.6
KL40-06 150.6 152.6
KL40-06 152.6 155.7
KL40-06 155.7 158.7
KL40-06 158.7 161.1
KL40-06 161.1 162.8
KL40-06 162.8 164.7
KL40-06 164.7 167.7
KL40-06 167.7 169.4
KL40-06 169.4 172.3
KL40-06 172.3 173.7
KL40-06 173.7 175.9
KL40-06 175.9 177.8
KL40-06 177.8 179.7
KL40-06 179.7 181.8
KL40-06 181.8 183.9
KL40-06 183.9 187.4
KL40-06 187.4 188.9
KL40-06 188.9 191.9
KL40-06 191.9 194.2
KL40-06 194.2 197.2



Appendix V - 331 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-06 197.2 199.4
KL40-06 199.4 200.9
KL40-06 200.9 203.9 0.73 7300 0.8 10.6 17600 3600 1070 36 4 32 116 11.5 15 0.36
KL40-06 203.9 206.9 0.112 1120 0.34 2.2 24300 580 160 47 6 73 18.3 9.5 22 0.25
KL40-06 206.9 209.9 0.131 1310 0.22 3.4 4850 1000 180 59 14 7 16 5.5 16 0.14
KL40-06 209.9 212.4 0.42 4200 0.21 4.2 7400 760 500 57 16 8 38 3.5 18 0.15
KL40-06 212.4 215.2 0.092 920 0.09 2 4310 690 110 33 9 1 8.5 3.7 12 0.12
KL40-06 215.2 217.7 0.0211 211 0.07 0.6 2000 237 29 115 3 1 1.4 2.0 14 0.01
KL40-06 217.7 220.5 0.114 1140 0.1 1.1 2900 165 50 33 5 3 2.3 4.5 14 0.01
KL40-06 220.5 221.7 0.71 7100 0.91 5.5 9100 154 63 209 6 21 9 26.8 30 0.01
KL40-06 221.7 224.6 1.19 11900 0.93 5.8 6100 335 250 91 2 69 10.3 16.0 24 0.1
KL40-06 224.6 227.7 0.46 4600 0.33 1.7 590 83 25 1040 2 12 2.1 5.5 46 0.01
KL40-06 227.7 230.2 1.03 10300 0.45 3.4 620 249 110 1220 1 15 2.9 6.5 20 0.01
KL40-06 230.2 233.3 3 30000 2.2 7.3 9400 256 230 317 1 72 11 15.0 84 0.12
KL40-06 233.3 234.7 3.29 32900 2.24 9.3 4200 430 260 262 1 55 13.4 19.0 49 0.01
KL40-06 234.7 236.7 2.02 20200 1.92 5.6 1350 51 59 750 1 35 11.1 16.0 49 0.01
KL40-06 236.7 239.7 2.43 24300 1.57 4.2 348 32 64 870 8 25 4.3 21.5 96 0.01
KL40-06 239.7 242.7 1.04 10400 1.87 3.1 252 22 36 80 4 36 4 15.0 34 0.01
KL40-06 242.7 245.9 1.45 14500 1.37 4.6 1680 315 21 108 2 27 7.1 8.5 34 0.01
KL40-06 245.9 248.9 1.46 14600 1.39 3.4 365 35 58 28 3 42 8.6 15.0 33 0.01
KL40-06 248.9 251.2 0.82 8200 0.84 2.3 710 32 62 21 2 54 5.9 11.8 31 0.01
KL40-06 251.2 254.4 0.935 9350 1.13 1.8 220 33 30 22 1 20 4.3 12.0 32 0.01
KL40-06 254.4 257.5 1.9 19000 1.03 3.8 2800 77 48 202 2 22 10.3 14.5 48 0.01
KL40-06 257.5 260 3.65 36500 1.01 5.6 275 123 160 2180 2 24 10.4 11.0 52 0.01
KL40-06 260 262.2 2.56 25600 1.59 3.6 190 61 190 1270 1 19 11.5 13.0 36 0.01
KL40-06 262.2 263.9 3.02 30200 1.12 3.5 240 50 35 216 1 28 4.6 16.0 31 0.01
KL40-06 263.9 266.9 0.8 8000 0.26 1.5 900 212 43 171 0.01 17 5.8 5.8 26 0.01
KL40-06 266.9 269.9 0.73 7300 0.17 1.3 196 32 24 802 0.01 14 2.3 4.9 23 0.01
KL40-06 269.9 272.9 1.35 13500 0.37 3.5 13200 1240 40 194 1 41 20 19.0 49 0.01
KL40-06 272.9 275.9 0.81 8100 0.31 1.2 9400 32 18 86 1 49 1.5 7.5 58 0.01
KL40-06 275.9 278.9 0.19 1900 0.09 0.6 156 24 16 172 1 17 1.3 3.0 32 0.01
KL40-06 278.9 281.4 0.52 5200 0.08 1 231 31 33 210 1 13 14.2 5.0 65 0.01
KL40-06 281.4 284.5 0.86 8600 0.28 1.2 9900 16 6 59 0.01 70 0.9 11.0 43 0.01
KL40-06 284.5 285.8 0.53 5300 0.5 1.3 10200 22 11 3 1 68 1.4 11.5 41 0.01
KL40-06 285.8 287.8 0.59 5900 0.35 1.1 700 33 6 49 2 45 1.3 4.3 30 0.01
KL40-06 287.8 290.8 0.28 2800 0.21 0.8 265 27 28 391 0.01 24 2.5 3.0 40 0.01
KL40-06 290.8 293.8 0.27 2700 0.1 0.8 132 43 27 294 0.01 16 1.7 3.3 21 0.01
KL40-06 293.8 296.6 0.42 4200 0.05 0.7 149 392 12 153 0.01 14 0.6 4.5 17 0.01
KL40-06 296.6 299.7 0.149 1490 0.03 0.7 223 113 10 137 0.01 8 1.2 2.5 25 0.01
KL40-06 299.7 302.7 0.37 3700 0.08 4.3 1640 940 31 309 0.01 11 4.7 4.3 29 0.01
KL40-06 302.7 305.7 0.49 4900 0.1 3.2 3840 3100 49 228 1 14 5.8 9.0 78 0.01
KL40-06 305.7 308.7 0.42 4200 0.08 3.2 3050 2600 59 101 5 8 3.7 11.0 26 0.01
KL40-06 308.7 311.3 0.975 9750 0.21 25.4 13600 12600 370 185 36 10 13.3 61.0 27 0.2
KL40-06 311.3 314.4 0.51 5100 0.14 7.6 3930 4000 50 158 6 8 3.4 15.0 24 0.01
KL40-06 314.4 317.5 0.35 3500 0.15 3.9 3250 2100 250 244 2 10 17.7 13.4 87 0.17
KL40-06 317.5 320.7 0.46 4600 0.21 1.1 237 89 34 241 1 19 1.3 4.3 30 0.01
KL40-06 320.7 323.7 0.354 3540 0.46 1.9 162 80 32 294 6 12 3.3 3.0 41 0.01
KL40-06 323.7 326.3 0.048 480 0.04 0.1 335 245 37 145 0.01 11 3.5 1.8 26 0.01
KL40-06 326.3 329.3 0.47 4700 0.13 5 1220 1700 350 1770 20 10 34 28.4 33 0.16
KL40-06 329.3 330.9 0.284 2840 0.17 2.6 690 580 140 3010 3 7 12 9.3 71 0.1
KL40-06 330.9 332.7 0.185 1850 0.08 2.3 500 317 28 1230 5 7 2 7.0 24 0.01
KL40-06 332.7 335.5 0.161 1610 0.11 2 540 336 20 1550 1 4 1.6 5.1 26 0.01
KL40-06 335.5 338.7 0.288 2880 0.08 1.5 138 129 18 2020 3 8 1.6 5.5 30 0.01
KL40-06 338.7 341.7 0.54 5400 0.37 1.2 194 69 18 12 0.01 14 0.8 5.3 28 0.01
KL40-06 341.7 344.7 0.27 2700 0.19 0.7 245 101 12 16 0.01 17 0.4 2.8 42 0.01
KL40-06 344.7 347.8 0.348 3480 0.21 1.1 356 239 12 164 0.01 17 0.3 3.0 28 0.01
KL40-06 347.8 350.9 0.38 3800 0.2 1.3 213 124 33 14 3 19 2.4 4.8 50 0.01
KL40-06 350.9 353.1 1.71 17100 0.58 2.5 1410 500 47 11 2 44 2.8 11.5 103 0.01
KL40-06 353.1 356.2 0.5 5000 0.4 1.4 4740 316 330 12 13 34 9 5.8 85 0.01
KL40-06 356.2 359.3 0.51 5100 0.57 3.5 590 900 380 14 10 31 6.5 8.0 47 0.01
KL40-06 359.3 362.4 1.76 17600 0.34 12.1 3900 5700 1050 475 27 27 6.9 15.0 97 0.01
KL40-06 362.4 365.5 0.75 7500 0.35 7.4 2200 3000 530 138 16 16 9.8 25.5 90 0.01
KL40-06 365.5 368.6 1.41 14100 0.63 2.8 2100 200 3300 271 0.01 51 14.1 8.0 65 0.01



Appendix V - 332 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-06 368.6 371.7 1.52 15200 1.17 10.1 2200 3400 2150 46 1 36 21 15.5 67 0.01
KL40-06 371.7 374.7 1.21 12100 0.8 9.5 14200 6300 2200 10 0.01 21 17.2 15.0 42 0.01
KL40-06 374.7 377.7 0.38 3800 0.36 7.8 17800 7100 1060 4 0.01 18 8.4 16.5 28 0.01
KL40-06 377.7 379.5 0.17 1700 0.25 8.3 11600 8000 410 7 2 7 7.1 35.0 30 0.01
KL40-06 379.5 382.6 0.275 2750 0.52 63 16000 64800 700 6 2 12 35 62.0 24 0.88
KL40-06 382.6 385.2 0.5 5000 0.21 2.7 940 430 100 318 7 26 6.8 3.3 20 0.01
KL40-06 385.2 387.2 3.6 36000 0.81 4.5 950 130 16 12 2 73 5.3 3.0 18 0.01
KL40-06 387.2 388.9 2.46 24600 0.98 3 450 89 55 3 1 32 5.5 6.0 29 0.01
KL40-06 388.9 391.9 2.41 24100 0.99 6.3 1960 440 70 46 3 31 5.5 18.0 38 0.01
KL40-06 391.9 395.1 1.46 14600 1.22 9.6 5400 325 38 43 46 57 5.6 38.0 70 0.01
KL40-06 395.1 397.6 2.26 22600 1.44 14.3 2000 357 370 4 11 24 7 48.0 88 0.01
KL40-06 397.6 401.5 1.5 15000 1.01 12.1 2300 870 350 2 10 37 4.1 19.0 64 0.01
KL40-06 401.5 402.9 1.34 13400 0.62 7.6 2500 139 55 3 5 53 2.6 22.5 64 0.01
KL40-06 402.9 404.7 3.28 32800 0.86 13.1 990 450 61 10 1 68 6.5 19.0 68 0.01
KL40-06 404.7 407.7 3.67 36700 0.69 50 34400 27000 49 18 3 32 10.8 46.3 69 0.01
KL40-06 407.7 409.2 2.89 28900 0.61 72 50300 34800 85 409 7 15 11 80.0 95 0.01
KL40-06 409.2 410.7 0.37 3700 0.21 4.2 326 259 61 401 7 6 3.3 21.0 87 0.01
KL40-06 410.7 412.5 0.52 5200 0.07 5.4 2340 900 100 70 4 7 38 11.5 51 0.01
KL40-06 412.5 413.7 0.59 5900 0.1 7.2 310 352 35 162 32 4 3.5 32.2 62 0.01
KL40-06 413.7 416.7 0.46 4600 0.09 3.6 153 147 46 76 27 5 1.6 12.3 37 0.01
KL40-06 416.7 419.7 0.46 4600 0.08 2.3 83 84 70 77 5 4 2.1 12.0 23 0.01
KL40-06 419.7 422.7 0.37 3700 0.09 2.5 127 142 30 68 6 3 1.6 12.0 37 0.01
KL40-06 422.7 425.7 0.51 5100 0.2 2.1 367 263 40 116 6 6 1.9 16.4 48 0.01
KL40-06 425.7 428.7 0.473 4730 0.16 2.1 109 112 48 76 12 8 3.3 42.5 117 0.01
KL40-06 428.7 431.7 1.08 10800 0.24 3.2 260 184 24 80 5 5 2.4 24.5 67 0.01
KL40-06 431.7 434.7 0.79 7900 0.25 1.7 162 125 27 36 4 8 0.8 9.5 70 0.01
KL40-06 434.7 437.7 0.62 6200 0.27 1.4 103 84 80 96 4 8 2.8 32.0 54 0.01
KL40-06 437.7 440.7 0.306 3060 0.29 1.1 78 43 43 24 5 7 3.5 40.0 48 0.01
KL40-06 440.7 450.7 0.22 2200 0.09 3.6 3040 1700 230 67 1 9 20.3 9.8 30 0.01
KL40-06 450.7 452.7 0.214 2140 0.18 1.2 216 80 16 121 1 14 0.3 5.8 65 0.01
KL40-06 452.7 455 0.224 2240 0.15 1.1 55 25 3 43 0.01 5 0.2 3.8 65 0.01
KL40-06 455 457.5 0.354 3540 0.11 1 80 36 4 85 0.01 4 0.9 6.5 56 0.01
KL40-06 457.5 460.2 0.258 2580 0.18 0.9 112 74 3 22 1 4 1.1 5.5 57 0.01
KL40-06 460.2 461.7 1.43 14300 1.41 39.4 800 590 590 13 51 12 137 7.5 46 0.3
KL40-06 461.7 464.7 0.38 3800 0.35 1.7 244 97 22 10 2 7 0.5 7.8 58 0.01
KL40-06 464.7 467.7 0.382 3820 0.27 1.2 68 19 2 56 0.01 12 0.3 7.8 72 0.01
KL40-06 467.7 470.7 0.224 2240 0.16 1 61 31 10 15 1 8 3.4 5.3 63 0.01
KL40-06 470.7 473.7 0.324 3240 0.15 0.9 87 48 7 59 1 7 0.6 5.8 68 0.01
KL40-06 473.7 476.7 0.77 7700 0.26 2.2 400 388 81 59 2 7 0.8 9.7 84 0.01
KL40-06 476.7 479.7 0.376 3760 0.19 0.8 128 89 2 60 0.01 7 0.2 4.7 71 0.01
KL40-06 479.7 482.7 0.428 4280 0.27 0.9 96 48 24 13 0.01 9 0.7 8.8 54 0.01
KL40-06 482.7 485.7 0.43 4300 0.17 0.6 73 29 5 28 0.01 7 0.01 8.5 53 0.01
KL40-06 485.7 488.7 0.41 4100 0.18 1.7 190 50 3 60 3 6 0.01 6.8 34 0.01
KL40-06 488.7 491.7 0.8 8000 0.31 1.4 158 42 3 72 1 10 0.3 14.0 64 0.01
KL40-06 491.7 494.7 1.56 15600 0.32 2 142 53 11 174 0.01 9 0.2 3.0 83 0.01
KL40-06 494.7 497.7 0.47 4700 0.03 0.7 62 63 43 57 0.01 4 3.3 2.3 177 0.01
KL40-06 497.7 499.5 0.347 3470 0.13 3.2 101 115 37 111 4 13 6.8 20.0 91 0.01
KL40-06 499.5 501.6 0.67 6700 0.17 4.8 307 175 130 372 5 13 11.9 21.5 121 0.13
KL40-06 501.6 503.7 0.44 4400 0.12 5.1 76 114 6 65 2 6 0.8 4.8 55 0.01
KL40-06 503.7 506.7 0.61 6100 0.33 1.2 42 40 2 47 0.01 5 0.01 1.0 56 0.01
KL40-06 506.7 508.5 1 10000 0.66 1.1 62 19 1 59 0.01 9 0.01 2.0 35 0.01
KL40-06 508.5 510.2 0.6 6000 0.36 0.8 42 16 0.01 63 0.01 7 0.01 3.0 38 0.01
KL40-06 510.2 512.7 0.238 2380 0.01 0.6 47 25 2 32 0.01 4 0.01 1.6 123 0.01
KL40-06 512.7 515.1 0.351 3510 0.03 0.9 75 41 6 40 0.01 5 0.3 1.3 128 0.1
KL40-06 515.1 517.2 0.68 6800 0.51 1.1 60 38 8 72 0.01 8 0.01 1.8 71 0.01
KL40-06 517.2 519.4 0.39 3900 0.37 1.1 59 93 3 43 0.01 8 0.01 2.0 49 0.01
KL40-06 519.4 521.6 0.368 3680 0.16 1 54 43 1 121 0.01 5 0.01 2.3 88 0.01
KL40-06 521.6 524.6 0.384 3840 0.16 1.1 430 145 24 78 0.01 6 2 2.8 58 0.19
KL40-06 524.6 527.6 0.34 3400 0.04 1.1 58 37 5 189 1 5 0.2 5.5 60 0.01
KL40-06 527.6 530.6 0.26 2600 0.1 1.1 123 76 4 96 0.01 5 0.2 4.7 61 0.01
KL40-06 530.6 533.6 0.342 3420 0.06 1.6 124 57 3 102 0.01 6 0.01 2.5 80 0.01
KL40-06 533.6 536.6 0.33 3300 0.09 1.4 78 45 2 178 1 5 0.01 3.3 57 0.01
KL40-06 536.6 539.6 0.46 4600 0.12 2 89 47 2 80 2 6 0.01 2.8 73 0.01



Appendix V - 333 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-06 539.6 542.6 0.64 6400 0.37 9.2 374 404 12 173 12 5 2 5.8 69 0.16
KL40-06 542.6 545.6 0.34 3400 0.04 1.1 97 73 1 99 0.01 10 0.01 2.3 65 0.01
KL40-06 545.6 548.6 0.26 2600 0.04 1.2 59 74 5 44 0.01 5 0.7 2.5 56 0.01
KL40-06 548.6 551.6 0.28 2800 0.1 1.5 45 21 12 127 0.01 4 1.2 5.3 81 0.01
KL40-06 551.6 554.6 0.346 3460 0.31 2.3 46 34 4 138 2 4 0.5 3.3 106 0.01
KL40-06 554.6 557.6 0.46 4600 0.27 3 378 158 8 61 7 3 0.7 2.3 69 0.01
KL40-06 557.6 560.6 0.55 5500 0.32 2.5 84 131 44 122 4 5 15.1 1.5 76 0.01
KL40-06 560.6 563.6 2.23 22300 1.48 16 690 2900 2880 66 9 14 362 0.0 187 0.46
KL40-06 563.6 566.6 1 10000 1.43 11.8 64 78 1340 117 8 16 188 36.3 115 0.25
KL40-06 566.6 569.6 0.433 4330 0.13 1.8 28 37 190 46 2 7 11.7 5.0 192 0.01
KL40-06 569.6 572.6 0.21 2100 0.14 2 46 54 66 47 3 7 6.4 8.3 121 0.11
KL40-06 572.6 575.6 0.356 3560 0.17 5.4 42 40 11 113 7 5 1.2 7.5 154 0.01
KL40-06 575.6 577.6 0.26 2600 0.05 1.7 62 25 4 28 1 3 0.6 2.8 161 0.01
KL40-06 577.6 579.8 0.276 2760 0.05 1.7 27 15 5 258 2 8 0.8 7.6 52 0.01
KL40-06 579.8 581.6 0.214 2140 0.05 1.1 38 32 4 94 2 5 1 3.0 78 0.01
KL40-06 581.6 584.6 0.244 2440 0.03 0.7 67 42 7 46 0.01 4 1.7 2.8 73 0.01
KL40-06 584.6 587.6 0.21 2100 0.04 0.6 86 52 4 98 0.01 4 0.8 3.8 82 0.01
KL40-06 587.6 590.6 0.22 2200 0.05 0.6 96 48 3 81 0.01 5 0.4 2.3 97 0.01
KL40-06 590.6 593.6 0.374 3740 0.08 1.3 123 183 5 117 0.01 4 0.6 3.3 76 0.01
KL40-06 593.6 596.6 0.33 3300 0.18 2.1 31 21 10 46 4 2 0.9 1.3 158 0.01
KL40-06 596.6 599.6 0.43 4300 0.19 2.6 14 14 5 82 3 3 0.7 1.0 171 0.01
KL40-06 599.6 602.6 0.3 3000 0.04 1.8 29 15 9 99 2 2 3 1.5 141 0.01
KL40-06 602.6 605.6 0.262 2620 0.09 1.8 88 43 12 59 2 3 1 4.9 148 0.01
KL40-06 605.6 608.6 0.206 2060 0.02 1.2 56 19 17 138 1 2 1.6 2.5 167 0.01
KL40-06 608.6 611.6 0.21 2100 0.11 2.1 78 64 8 89 4 2 1.1 3.5 186 0.01
KL40-06 611.6 614.6 0.26 2600 0.07 1.6 18 19 6 29 2 2 2 2.5 128 0.01
KL40-06 614.6 617.6 0.26 2600 0.06 1.6 54 25 9 87 1 3 4.4 3.2 175 0.01
KL40-06 617.6 619.4 0.32 3200 0.14 2.5 34 23 50 77 1 3 28 4.0 146 0.01
KL40-06 619.4 622.5 0.284 2840 0.1 1.3 15 17 14 126 1 2 6.3 2.8 178 0.01
KL40-06 622.5 623.6 0.36 3600 0.11 2.6 46 34 34 119 3 2 10.4 2.3 149 0.01
KL40-06 623.6 626.6 0.32 3200 0.14 1.7 43 24 100 59 3 2 16.3 3.2 155 0.01
KL40-06 626.6 629.6 0.364 3640 0.11 1.4 32 19 33 24 0.01 3 6.2 3.5 158 0.15
KL40-06 629.6 632.6 0.343 3430 0.07 0.8 118 132 28 41 0.01 4 1.6 2.0 143 0.01
KL40-06 632.6 635.6 0.23 2300 0.12 1 23 26 11 138 1 2 1.5 2.5 121 0.01
KL40-06 635.6 638.6 1.03 10300 1.2 8.7 650 135 1600 53 7 5 215 6.5 100 0.7
KL40-06 638.6 641.6 0.308 3080 0.19 2.1 357 103 33 69 4 6 6.5 4.3 85 0.01
KL40-06 641.6 644.6 0.28 2800 0.16 2.2 114 43 640 98 5 5 45 5.8 103 0.01
KL40-06 644.6 647.6 1.37 13700 0.49 3.5 60 61 1440 59 4 4 168 2.0 117 0.2
KL40-06 647.6 649.8 0.98 9800 0.47 3.5 21 34 660 760 4 5 70 2.0 141 0.13
KL40-06 649.8 652.9 0.28 2800 0.13 1.7 132 75 95 299 2 2 18 2.8 104 0.01
KL40-06 652.9 654 0.6 6000 1.12 9.3 204 172 1840 3820 9 7 257 8.8 130 0.3
KL40-06 654 656.6 2.01 20100 2.08 12.5 50 168 6000 970 3 6 880 8.0 124 0.59
KL40-06 656.6 658.5 0.92 9200 0.8 4.3 104 119 2230 130 2 2 255 2.3 139 0.21
KL40-06 658.5 661.6 0.57 5700 0.29 2.4 54 69 260 65 3 2 16 2.0 125 0.22
KL40-06 661.6 664.7 0.34 3400 0.14 1.5 78 50 140 67 2 4 14 2.8 136 0.01
KL40-06 664.7 667.8 0.65 6500 0.18 1.8 69 39 3 68 1 4 0.01 3.3 123 0.01
KL40-06 667.8 670.8 0.294 2940 0.05 1.2 88 53 19 53 1 3 3.6 3.0 109 0.01
KL40-06 670.8 673.9 0.32 3200 0.03 1.5 183 112 15 49 0.01 2 0.6 2.5 94 0.01
KL40-06 673.9 677 0.3 3000 0.04 0.8 48 30 12 82 1 6 0.5 10.4 73 0.01
KL40-06 677 678.5 0.38 3800 0.04 1.6 210 102 4 22 0.01 3 0.4 3.5 116 0.01
KL40-06 678.5 680.6 0.25 2500 0.03 1.3 252 112 6 37 0.01 2 0.5 2.8 129 0.12
KL40-06 680.6 683.6 0.24 2400 0.02 1.1 93 61 12 279 0.01 2 0.6 2.5 126 0.01
KL40-06 683.6 686.6 0.21 2100 0.02 1.2 131 65 3 107 1 3 0.3 2.0 104 0.01
KL40-06 686.6 689.6 0.21 2100 0.02 1.2 80 48 2 44 2 2 0.5 2.3 115 0.01
KL40-06 689.6 692.6 0.146 1460 0.03 0.9 145 67 2 42 2 2 0.4 2.5 99 0.01
KL40-06 692.6 695.6 0.162 1620 0.03 0.1 178 103 3 43 1 5 0.6 8.5 124 0.01
KL40-06 695.6 698.6 0.282 2820 0.03 1.1 253 125 15 245 1 5 4.2 3.3 102 0.01
KL40-06 698.6 701.6 0.21 2100 0.01 1.5 131 104 6 123 1 3 2.8 2.5 101 0.01
KL40-06 701.6 704.6 0.137 1370 0.01 1 93 63 27 309 2 2 3.5 3.3 115 0.01
KL40-06 704.6 707.6 0.082 820 0.08 1.3 61 36 24 156 4 2 0.7 3.5 97 0.01
KL40-06 707.6 710.6 0.108 1080 0.01 1 45 25 16 119 2 3 0.8 1.8 104 0.01
KL40-06 710.6 712.2 0.22 2200 0.02 1.3 79 40 4 211 1 4 0.3 3.0 125 0.01
KL40-06 712.2 714.4 0.22 2200 0.05 1.2 143 93 3 112 1 4 0.5 1.5 91 0.01



Appendix V - 334 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-06 714.4 716.6 0.185 1850 0.04 0.8 154 100 2 114 0.01 5 0.3 1.5 57 0.01
KL40-06 716.6 719.6 0.19 1900 0.03 1.3 137 86 1 227 1 4 0.7 3.3 44 0.01
KL40-06 719.6 722.6 0.145 1450 0.02 1.2 138 100 5 251 0.01 4 1.7 1.8 87 0.01
KL40-06 722.6 725.6 0.24 2400 0.04 2 325 198 11 76 2 3 7.1 4.6 95 0.01
KL40-06 725.6 728.6 0.21 2100 0.03 1.8 700 395 12 80 2 4 8.2 4.0 96 0.1
KL40-06 728.6 731.6 0.284 2840 0.03 1.7 206 153 13 51 0.01 4 15.7 3.2 114 0.01
KL40-06 731.6 734.6 0.187 1870 0.04 1.9 226 118 7 118 2 3 2.4 2.5 122 0.01
KL40-06 734.6 737.6 0.184 1840 0.03 1.8 89 59 13 65 2 4 2.4 2.8 137 0.01
KL40-06 737.6 740.6 0.22 2200 0.03 1.1 195 116 28 32 1 3 2.5 1.0 76 0.01
KL40-06 740.6 743.6 0.193 1930 0.03 0.9 133 67 10 73 1 5 0.3 1.3 62 0.01
KL40-06 743.6 746.6 0.96 9600 0.54 3.5 301 99 24 92 9 4 7.8 4.0 73 0.01
KL40-06 746.6 749.6 0.152 1520 0.03 0.7 128 81 5 34 0.01 5 0.4 2.0 58 0.01
KL40-06 749.6 752.6 0.184 1840 0.04 0.9 83 43 67 81 2 4 0.2 1.3 68 0.01
KL40-06 752.6 755.6 0.167 1670 0.03 0.9 124 57 8 146 1 5 0.01 1.3 70 0.01
KL40-06 755.6 758.6 0.124 1240 0.01 0.7 109 71 1 167 0.01 5 0.01 1.0 69 0.01
KL40-06 758.6 761.6 0.168 1680 0.04 0.8 103 52 1 58 3 6 0.01 1.0 43 0.01
KL40-06 761.6 763.8 0.123 1230 0.03 0.7 108 47 2 43 0.01 7 0.01 1.5 53 0.01
KL40-06 763.8 766 0.188 1880 0.06 0.6 51 21 1 25 1 7 0.01 2.0 33 0.01
KL40-06 766 767.6 0.212 2120 0.08 0.6 91 40 6 44 2 6 0.3 2.3 98 0.01
KL40-06 767.6 770.6 0.165 1650 0.03 0.7 40 16 3 520 1 3 0.4 3.3 134 0.01
KL40-06 770.6 773 0.364 3640 0.07 1.9 61 35 5 331 1 5 0.7 3.3 62 0.01
KL40-06 773 775.6 0.256 2560 0.04 0.8 62 29 1 44 1 5 0.01 2.0 61 0.01
KL40-06 775.6 778.5 0.39 3900 0.07 1.2 48 24 2 106 2 10 0.2 2.0 68 0.01
KL40-06 778.5 779.6 0.24 2400 0.06 0.8 44 13 2 47 1 5 0.01 2.1 110 0.01
KL40-06 779.6 782.6 0.29 2900 0.28 1.8 1540 620 220 620 4 8 45 6.5 128 0.1
KL40-06 782.6 785.6 0.27 2700 0.07 1.4 91 65 8 85 2 4 1.7 4.1 87 0.01
KL40-06 785.6 788.6 0.31 3100 0.07 1.1 87 44 3 50 1 7 0.6 1.8 158 0.01
KL40-06 788.6 791.6 0.23 2300 0.05 1.2 118 61 8 158 1 8 1.4 3.6 150 0.01
KL40-06 791.6 794.6 0.22 2200 0.05 1 101 44 7 142 2 4 1.1 3.0 100 0.01
KL40-06 794.6 797.6 0.183 1830 0.04 0.8 56 22 9 39 1 3 4.5 1.0 35 0.01
KL40-06 797.6 800.6 0.36 3600 0.13 1.5 201 74 37 11 2 5 16.8 1.8 31 0.01
KL40-06 800.6 803.6 0.24 2400 0.09 0.7 80 32 2 203 1 7 0.01 1.5 123 0.01
KL40-06 803.6 806.6 0.193 1930 0.04 0.7 34 17 21 16 1 7 1.8 2.5 118 0.01
KL40-06 806.6 808.6 0.133 1330 0.01 23.7 28 8 4 89 1 24 0.9 3.1 90 0.01
KL40-07 0 3 0.0275 275 0.04 1 250 99 13 1 1 1 1.5 1.2 21 0.01
KL40-07 3 5.7 0.0101 101 0.01 1.3 320 134 17 4 3 1 2.4 2.0 22 0.01
KL40-07 5.7 8.7 0.0055 55 0.02 0.7 302 146 11 1 1 1 2.3 0.0 26 0.01
KL40-07 8.7 11.2 0.0062 62 0.11 1.7 580 176 26 1 0.01 1 18 1.2 23 0.11
KL40-07 11.2 13.7 0.0039 39 0.01 1.1 404 320 19 4 1 1 3.5 1.2 20 0.01
KL40-07 13.7 14.7 0.0057 57 0.04 2 940 750 17 4 4 1 3.7 3.1 22 0.01
KL40-07 14.7 17.7 0.0077 77 0.01 1.5 470 340 22 6 4 1 2.2 3.2 28 0.01
KL40-07 17.7 20.7 0.0088 88 0.03 1.7 830 267 49 9 3 1 7.5 1.5 25 0.01
KL40-07 20.7 23.7 0.0234 234 0.02 1.1 156 127 60 38 16 1 2.2 1.0 42 0.01
KL40-07 23.7 26.7 0.0099 99 0.06 0.8 362 112 88 24 17 1 10.5 0.8 39 0.01
KL40-07 26.7 29.7 0.0213 213 0.02 1.7 430 234 60 24 46 1 15.5 2.3 36 0.01
KL40-07 29.7 32.7 0.0324 324 0.02 1.5 146 76 56 52 12 1 3.3 1.5 42 0.01
KL40-07 32.7 35.2 0.0197 197 0.04 0.9 331 75 38 14 10 1 3.3 0.8 31 0.01
KL40-07 35.2 38.2 0.0075 75 0.12 0.6 146 56 44 10 5 1 3.3 0.0 35 0.01
KL40-07 38.2 41.3 0.0188 188 0.05 0.8 345 68 36 13 7 1 2.9 1.2 33 0.01
KL40-07 41.3 44.4 0.0102 102 0.05 1.5 367 146 75 12 22 2 5.6 1.0 32 0.01
KL40-07 44.4 47.5 0.0052 52 0.01 1.3 420 1340 30 19 2 1 3.4 2.9 30 0.01
KL40-07 47.5 50.6 0.0094 94 0.05 1.6 364 140 55 14 24 1 5.3 1.2 32 0.01
KL40-07 50.6 53.7 0.0057 57 0.01 1 440 1370 32 20 3 1 3.6 2.0 30 0.01
KL40-07 53.7 56.7 0.014 140 0.1 0.9 1160 249 130 18 4 1 4.2 1.2 37 0.16
KL40-07 56.7 59.7 0.0133 133 0.11 1 1180 223 130 16 5 1 4.1 1.8 35 0.19
KL40-07 59.7 61.1 0.109 1090 0.07 21.9 6800 5800 140 9 86 5 9.8 11.7 35 0.16
KL40-07 61.1 63.4 0.111 1110 0.06 22.2 7200 5700 130 8 85 5 11.6 12.3 37 0.2
KL40-07 63.4 65.7 0.0255 255 0.12 1.8 610 305 100 10 20 11 4.4 7.5 19 0.11
KL40-07 65.7 68.7 0.0272 272 0.12 1.6 660 292 110 12 22 12 5.5 6.8 20 0.13
KL40-07 68.7 71.7 0.0202 202 0.13 1.4 1050 268 100 12 6 3 7.7 4.3 35 0.1
KL40-07 71.7 74.7 0.0198 198 0.13 1.7 1060 249 90 10 5 3 7.6 3.8 30 0.12
KL40-07 74.7 77.7 0.0101 101 0.07 2.5 670 560 120 22 12 1 30.5 6.3 37 0.01
KL40-07 77.7 80.7 0.0329 329 0.05 4.2 5980 2300 120 8 8 2 23.5 10.3 38 0.32



Appendix V - 335 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-07 80.7 83.7 0.0323 323 0.05 4 6300 2370 130 7 10 2 24 10.8 41 0.27
KL40-07 83.7 86.7 0.0294 294 0.39 3 2210 670 150 54 40 4 54 12.8 90 0.33
KL40-07 86.7 89.7 0.0297 297 0.4 2.7 2240 680 160 56 44 4 56 12.7 91 0.33
KL40-07 89.7 91.2 0.0027 27 0.12 0.6 334 85 52 134 4 4 4.6 2.2 86 0.01
KL40-07 91.2 92.7 0.075 750 0.21 1 610 252 57 256 7 4 5.4 5.0 92 0.01
KL40-07 92.7 94.8 0.0045 45 0.13 0.7 1150 300 26 135 1 3 2.5 2.0 84 0.01
KL40-07 94.8 96.6 0.077 770 0.2 1.2 610 231 59 266 5 5 4.9 4.3 85 0.01
KL40-07 96.6 98.7 2.24 22400 1.76 13.3 2500 1140 1780 930 47 30 530 28.5 137 0.78
KL40-07 98.7 100.6 2.26 22600 1.72 13.9 2400 1070 1770 910 49 32 540 30.5 123 0.86
KL40-07 100.6 101.7 0.0349 349 0.27 4.6 2230 870 120 460 20 3 12.1 20.0 40 0.1
KL40-07 101.7 104.7 0.0165 165 0.2 1.5 1920 590 92 50 6 5 5.3 8.0 50 0.01
KL40-07 104.7 106.8 0.0162 162 0.24 2.2 2560 610 89 28 8 5 8.1 8.8 22 0.01
KL40-07 106.8 108.8 0.0061 61 0.16 0.1 690 106 87 127 0.01 1 6.2 3.8 21 0.01
KL40-07 108.8 110.3 0.332 3320 0.9 17.6 9300 1430 290 739 42 5 52 15.3 50 0.88
KL40-07 110.3 111.7 0.323 3230 0.93 17.4 9900 1410 310 730 44 5 52 14.6 45 0.96
KL40-07 111.7 113.7 0.148 1480 1.3 15.6 1490 540 460 837 40 2 40 11.5 152 1.03
KL40-07 113.7 116.7 0.148 1480 1.38 15.9 1490 510 450 856 33 2 36 9.8 162 0.98
KL40-07 116.7 119.7 0.055 550 1.65 23.9 12000 2600 400 1160 80 7 13.1 16.0 53 1.06
KL40-07 119.7 122.7 0.106 1060 1.49 8.3 14500 3000 590 1170 23 7 62 18.5 145 0.96
KL40-07 122.7 125.7 0.105 1050 1.48 8.2 14600 2900 610 1190 26 7 56 18.5 142 0.9
KL40-07 125.7 127.6 0.123 1230 0.43 4.6 23000 2800 360 213 25 9 26 24.7 70 0.9
KL40-07 127.6 130.8 0.121 1210 0.45 4.7 22900 2700 370 211 24 10 26 24.5 70 0.96
KL40-07 130.8 132.3 0.133 1330 0.61 5.4 39800 4000 400 386 39 16 19.5 27.5 61 1
KL40-07 132.3 134.4 0.0065 65 0.09 1 7000 640 23 33 5 1 2.3 5.2 30 0.14
KL40-07 134.4 135.6 0.0066 66 0.09 0.8 6900 610 23 33 4 1 2.1 5.8 29 0.15
KL40-07 135.6 137.7 0.0096 96 0.1 0.9 4280 384 35 29 3 1 2 4.0 33 0.18
KL40-07 137.7 140.7 0.0099 99 0.06 0.7 1320 156 25 43 1 1 2.4 2.0 29 0.01
KL40-07 140.7 143.7 0.0107 107 0.06 0.7 1340 148 25 45 1 1 2.3 2.3 30 0.01
KL40-07 143.7 146.4 0.0089 89 0.09 1.3 1980 540 35 32 4 1 1.4 5.0 28 0.11
KL40-07 146.4 149.7 0.0186 186 0.37 1.9 2680 580 190 76 4 2 3.9 6.0 92 0.37
KL40-07 149.7 152 0.171 1710 0.2 2.4 1800 197 460 57 1 3 4 6.0 37 0.01
KL40-07 152 153.7 0.169 1690 0.2 2.3 1780 196 450 55 1 3 4.2 5.8 34 0.1
KL40-07 153.7 155.7 0.128 1280 0.19 2.1 670 42 40 2450 22 1 2.6 7.5 35 0.01
KL40-07 155.7 157.7
KL40-07 157.7 159.2 0.0072 72 0.1 0.5 510 75 33 2730 18 1 3.9 6.0 52 0.01
KL40-07 159.2 161.2 0.335 3350 1.23 8.8 39700 201 270 2150 142 27 6.5 47.3 78 0.3
KL40-07 161.2 162.8 0.0236 236 0.22 1.3 6500 91 57 51 26 3 17.4 9.0 16 0.28
KL40-07 162.8 164.7 0.0248 248 0.24 1.2 6500 96 57 48 23 3 17.6 9.5 15 0.21
KL40-07 164.7 167.1 0.0144 144 0.27 2.7 1700 283 63 142 20 1 1.9 6.0 19 0.2
KL40-07 167.1 169.3 0.0182 182 0.15 0.7 5310 104 62 31 7 1 1.2 5.8 14 0.18
KL40-07 169.3 172.1 0.0133 133 0.17 0.8 2780 91 51 25 12 1 0.7 4.0 14 0.39
KL40-07 172.1 174.5 0.0131 131 0.17 0.8 2610 96 53 21 14 1 0.9 4.0 15 0.35
KL40-07 174.5 177.3 0.116 1160 0.25 1.9 7200 310 370 54 16 1 5.3 9.8 16 0.37
KL40-07 177.3 180.5 0.118 1180 0.25 2 7100 311 410 58 18 2 5.2 9.3 17 0.33
KL40-07 180.5 183.7 0.0289 289 0.51 1 1600 178 110 83 20 2 2.7 5.0 22 0.1
KL40-07 183.7 186.5 0.086 860 0.51 1.3 2710 204 210 34 20 3 3.3 6.3 17 0.01
KL40-07 186.5 188.7 0.087 870 0.48 1.2 2790 210 210 36 22 3 2.7 6.5 16 0.1
KL40-07 188.7 189.8 0.155 1550 0.8 3 7200 540 410 29 26 8 13.5 7.0 18 0.11
KL40-07 189.8 191.6 0.162 1620 0.83 3 7000 590 420 27 22 8 13 5.8 19 0.1
KL40-07 191.6 194.7 0.3 3000 1.24 1.8 620 91 190 43 62 21 8.8 29.3 26 0.01
KL40-07 194.7 197.7 0.91 9100 2.12 5.3 184 48 47 42 40 45 5.9 37.0 31 0.01
KL40-07 197.7 200.7 0.76 7600 1.65 6.4 138 33 200 26 24 34 4.2 23.5 42 0.01
KL40-07 200.7 203.7 1.22 12200 2.42 6.8 124 26 48 112 3 29 8.3 13.5 34 0.01
KL40-07 203.7 206.7 1.39 13900 3.06 5.4 165 35 300 171 7 28 9.4 34.8 35 0.01
KL40-07 206.7 209.7 1.2 12000 1.77 4.9 142 27 49 187 4 31 6.1 22.5 30 0.01
KL40-07 209.7 212.7 1.15 11500 1.76 4.5 145 29 40 182 3 33 5.9 23.5 30 0.01
KL40-07 212.7 215.7 0.85 8500 1.92 3.1 267 84 230 52 0.01 36 7.1 16.3 39 0.01
KL40-07 215.7 218.7 1.08 10800 1.16 6.8 6100 750 740 132 20 41 8.6 18.9 84 0.82
KL40-07 218.7 221.7 1.02 10200 0.72 9.1 3000 1630 1850 1140 10 63 4.5 25.0 80 0.54
KL40-07 221.7 224.7 1 10000 0.7 8.9 3000 1600 1800 1080 11 61 4.2 25.0 78 0.56
KL40-07 224.7 227.7 0.51 5100 0.4 8.2 1320 420 600 620 7 28 4.5 7.0 68 0.1
KL40-07 227.7 230.7 1.25 12500 1.26 5 1010 407 410 999 5 47 5.6 13.5 40 0.01
KL40-07 230.7 232.9 1.24 12400 1.28 4.9 1000 380 430 990 7 49 5.1 12.5 39 0.01



Appendix V - 336 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-07 232.9 235 1.9 19000 1.78 5.7 188 54 42 257 2 47 3.5 12.0 63 0.01
KL40-07 235 236.7 0.66 6600 0.58 2.1 290 55 58 120 1 20 2.9 6.5 19 0.01
KL40-07 236.7 239.7 0.64 6400 0.6 1.8 300 49 55 122 0.01 20 2.9 5.8 18 0.01
KL40-07 239.7 242.7 0.306 3060 0.35 1.2 81 37 14 120 1 13 1.2 5.5 17 0.01
KL40-07 242.7 245.7 0.56 5600 0.66 1.9 103 22 27 78 1 51 2.6 9.5 20 0.01
KL40-07 245.7 248.4 0.84 8400 1.03 2.8 138 31 300 71 0.01 35 4.2 7.3 48 0.01
KL40-07 248.4 251.7 0.75 7500 1 2.7 530 154 170 73 0.01 28 3.6 8.4 146 0.01
KL40-07 251.7 254.7 0.136 1360 0.03 0.1 104 51 6 37 0.01 14 1.2 2.1 34 0.01
KL40-07 254.7 257.7 0.99 9900 0.64 8 935 362 130 546 9 36 3.9 9.5 33 0.01
KL40-07 257.7 260.7 0.97 9700 0.66 8.2 1175 384 120 530 10 35 3.5 8.3 30 0.01
KL40-07 260.7 263.6 0.292 2920 0.15 5 660 338 51 660 1 13 3.4 3.8 21 0.01
KL40-07 263.6 266.6 0.298 2980 0.16 4.9 660 357 52 650 2 15 3.6 4.0 20 0.01
KL40-07 266.6 269.7 0.62 6200 0.56 5.8 344 128 130 560 12 41 2.4 7.8 40 0.01
KL40-07 269.7 272.7 0.75 7500 1.28 8.4 850 384 1050 126 44 29 1.7 8.5 82 0.01
KL40-07 272.7 275 1.4 14000 1.16 21.6 1780 620 4200 84 12 28 1.2 14.5 148 0.01
KL40-07 275 277 1.37 13700 0.86 12.7 1580 450 2500 128 6 19 1.3 19.0 76 0.01
KL40-07 277 278.7 2.26 22600 1.54 27.5 3480 720 4350 120 6 50 2.8 24.0 53 0.12
KL40-07 278.7 281.7 2.98 29800 1.58 12.4 1720 369 1390 1320 3 45 3.2 27.5 52 0.01
KL40-07 281.7 284.7 2.17 21700 1.2 15.4 1920 540 230 628 5 53 2 22.5 42 0.01
KL40-07 284.7 287.7 1.04 10400 1.38 21.2 1210 306 800 84 18 29 1.9 17.0 53 0.11
KL40-07 287.7 290.7 1.58 15800 1.34 14.3 8300 470 370 17 42 32 3.4 26.0 63 0.1
KL40-07 290.7 293.7 1.92 19200 1.88 16 1520 362 51 92 42 41 5.9 23.0 54 0.01
KL40-07 293.7 296.7 1.44 14400 2.59 6 670 136 34 8 10 72 3 9.8 35 0.01
KL40-07 296.7 299.7 2.47 24700 1.4 14.9 430 96 16 75 7 56 2.2 36.0 83 0.01
KL40-07 299.7 302.7 1.8 18000 1.24 7.3 106 43 10 16 12 21 2.2 20.0 83 0.01
KL40-07 302.7 305.7 1.63 16300 1.36 6.1 133 62 20 33 14 18 2.6 24.0 63 0.01
KL40-07 305.7 308.7 3.06 30600 2.3 12 101 60 18 86 8 37 1.7 24.0 71 0.75
KL40-07 308.7 311.7 2.91 29100 3.52 9.2 47 19 9 197 4 36 0.5 21.0 58 0.1
KL40-07 311.7 314.7 2.41 24100 1.8 7.2 408 40 26 148 4 36 0.8 31.5 86 0.17
KL40-07 314.7 317.7 2.36 23600 2.04 7.7 120 29 8 112 5 38 0.9 40.0 52 0.01
KL40-07 317.7 320.7 3.79 37900 3.12 9.1 171 48 14 95 2 48 1.1 57.5 83 1.32
KL40-07 320.7 323.7 2.98 29800 2.42 8.9 344 73 42 22 6 47 1.5 48.5 77 2.85
KL40-07 323.7 326.7 3.32 33200 2.16 10.8 256 50 43 23 3 45 2.2 32.5 133 1.44
KL40-07 326.7 329.7 1.91 19100 1.34 6.2 168 46 9 9 6 51 0.8 30.0 74 0.62
KL40-07 329.7 332.7 2.67 26700 1.68 7.9 60 24 4 43 3 52 0.3 25.0 72 0.01
KL40-07 332.7 335.7 1.51 15100 1.74 4.2 2820 870 330 60 4 37 0.6 25.7 197 0.13
KL40-07 335.7 338.7 2.14 21400 1.36 6.2 127 43 11 73 5 60 0.6 23.5 111 0.01
KL40-07 338.7 341.7 4.17 41700 2.62 8.3 242 28 6 193 2 56 0.9 30.0 83 0.01
KL40-07 341.7 344.7 4.51 45100 2.78 8.4 284 36 2 49 2 77 0.9 42.5 122 0.01
KL40-07 344.7 347.2 4.45 44500 2.3 8.2 192 31 0.01 87 1 73 0.4 47.5 84 0.01
KL40-07 347.2 350.3 3.73 37300 2.12 8.2 295 24 0.01 106 1 67 0.8 40.0 42 0.01
KL40-07 350.3 353.5 3.94 39400 1.92 9.6 358 76 20 47 4 50 2.2 35.0 41 0.01
KL40-07 353.5 356.6 5 50000 3.2 13.8 10000 740 62 199 6 64 3.3 45.0 62 0.01
KL40-07 356.6 359.7 4.25 42500 3.22 10.8 265 28 18 93 3 48 1.4 32.5 59 0.01
KL40-07 359.7 362.7 3.39 33900 2.82 11.9 580 50 15 95 5 52 1.5 27.0 131 0.01
KL40-07 362.7 365.7 5 50000 4.4 11.5 1070 58 8 14 1 64 1.6 32.5 77 0.01
KL40-07 365.7 368.7 5 50000 3.2 13.1 930 43 6 10 2 77 1.3 31.3 48 0.01
KL40-07 368.7 371.7 4.11 41100 2.52 11.3 440 30 9 50 2 54 1.1 25.0 65 0.01
KL40-07 371.7 374.7 3.63 36300 2.52 11.8 133 44 9 55 2 65 2.5 17.5 79 0.01
KL40-07 374.7 377.7 3.12 31200 2 8.6 99 34 10 38 3 54 2.7 25.0 65 0.01
KL40-07 377.7 380.7 2.24 22400 1.76 10.8 114 53 15 71 7 33 2.1 21.0 85 0.01
KL40-07 380.7 383.7 3.44 34400 2.24 5.4 1070 156 13 52 3 69 2.5 22.5 86 0.01
KL40-07 383.7 386.7 2.75 27500 2.4 8.4 253 53 14 69 4 93 1.5 34.0 109 0.01
KL40-07 386.7 389.7 3.15 31500 2.2 6.6 79 50 7 70 4 62 1.4 37.5 110 0.01
KL40-07 389.7 392.7 2.36 23600 1.34 4.8 940 298 50 151 3 53 5.2 37.5 157 0.01
KL40-07 392.7 395.7 4.53 45300 2.72 5.7 206 72 11 16 3 47 2 30.0 81 0.01
KL40-07 395.7 398.7 3.51 35100 2.42 7.2 108 32 5 18 3 54 1.6 7.5 87 0.01
KL40-07 398.7 401.7 2.72 27200 1.68 5.1 1100 365 29 12 3 47 1.3 19.5 111 0.01
KL40-07 401.7 404.7 1.96 19600 1.86 6.3 490 129 31 96 5 36 0.9 31.0 197 3.36
KL40-07 404.7 407.7 1.52 15200 1.28 2.2 830 212 13 22 2 38 0.7 26.0 126 0.01
KL40-07 407.7 410.7 2.34 23400 1.54 5.6 480 109 13 16 4 46 0.9 34.0 84 0.01
KL40-07 410.7 413.7 1.21 12100 0.72 6.3 91 41 7 27 5 50 0.9 12.0 103 0.01
KL40-07 413.7 416.7 2.45 24500 1.64 23.5 96 37 7 32 4 34 0.7 21.0 83 0.01



Appendix V - 337 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-07 416.7 419.7 3.01 30100 1.55 12.4 790 730 12 29 5 37 1.3 22.5 37 0.01
KL40-07 419.7 422.7 2.38 23800 1.22 6.4 610 119 11 26 6 43 0.8 23.5 73 0.01
KL40-07 422.7 425.7 2.18 21800 0.94 4.3 600 64 4 71 6 40 0.4 6.0 44 0.01
KL40-07 425.7 428.7 2.6 26000 1.4 8.3 690 297 8 18 8 47 0.7 23.5 55 0.01
KL40-07 428.7 431.7 3.7 37000 1.6 8.6 720 67 5 12 20 49 0.5 16.0 112 0.01
KL40-07 431.7 434.7 2.84 28400 1.36 8.4 840 242 10 8 6 22 0.9 17.5 52 0.01
KL40-07 434.7 437.7 3.09 30900 2.55 23 6010 2310 81 14 7 28 2.8 16.0 138 0.01
KL40-07 437.7 440.7 0.8 8000 2.68 28.3 7010 1750 320 396 15 22 11.5 21.5 183 0.44
KL40-07 440.7 443.7 0.59 5900 0.84 9.8 1040 235 42 2100 5 15 1.6 12.0 153 0.12
KL40-07 443.7 446.7 0.314 3140 0.68 3.8 430 120 26 70 2 8 5.1 8.4 166 0.01
KL40-07 446.7 449.7 0.136 1360 0.35 1.4 289 77 21 159 2 9 0.9 7.3 102 0.01
KL40-07 449.7 452.7 0.136 1360 0.26 1.1 324 161 19 105 1 6 0.8 7.0 124 0.01
KL40-07 452.7 455.7 0.17 1700 0.32 2.6 460 1020 48 289 3 14 0.9 13.8 116 0.01
KL40-07 455.7 458.7 0.181 1810 0.28 1.2 440 820 30 110 1 8 0.5 7.0 108 0.01
KL40-07 458.7 461.7 0.195 1950 0.22 2.6 241 368 42 170 1 15 0.6 14.6 158 0.01
KL40-07 461.7 464.7 0.144 1440 0.3 2.3 750 2120 100 155 2 26 3 13.3 89 0.01
KL40-07 464.7 467.7 0.081 810 0.46 2.1 520 530 28 284 1 9 4.8 7.0 81 0.1
KL40-07 467.7 470.7 0.1 1000 0.34 1.2 319 1300 26 123 1 11 0.01 9.5 105 0.01
KL40-07 470.7 472.9 0.094 940 1.4 3.7 500 650 220 156 1 8 0.4 5.3 139 0.1
KL40-07 472.9 474.5 0.0247 247 0.3 1.4 510 590 24 211 1 10 1 8.5 118 0.01
KL40-07 474.5 476.6 0.459 4590 0.33 1.6 1070 2060 40 75 2 18 0.4 18.5 135 0.01
KL40-07 476.6 479.1 1.31 13100 2.14 7.5 1190 1420 54 789 42 24 0.4 20.0 128 0.01
KL40-07 479.1 482.2 2.36 23600 2.56 14.4 720 630 42 68 7 25 0.4 21.5 155 0.01
KL40-07 482.2 485.3 2.35 23500 1.74 25.8 530 125 45 23 45 28 0.8 24.0 96 0.01
KL40-07 485.3 488.4 2.26 22600 2.02 23.5 440 120 38 33 63 27 1.1 25.5 127 0.01
KL40-07 488.4 491.5 3.27 32700 3.34 25.1 4070 1960 50 46 65 58 1 31.0 49 0.01
KL40-07 491.5 494.7 1.67 16700 2.28 9.3 960 132 41 25 31 58 1.8 30.0 67 0.01
KL40-07 494.7 497.7 2.56 25600 2.34 14.7 2720 540 36 71 8 31 1.1 21.0 72 0.01
KL40-07 497.7 500.7 2.16 21600 1.83 7.4 1240 315 29 27 4 50 1.2 20.0 52 0.01
KL40-07 500.7 503.7 2.71 27100 2.24 4.8 540 510 24 9 5 54 1.3 18.0 64 0.01
KL40-07 503.7 506.7 3.49 34900 3.68 6.2 358 325 15 5 5 142 1.6 22.5 51 0.01
KL40-07 506.7 509.7 3.13 31300 2.58 2 221 86 6 10 4 36 1.1 6.0 40 0.01
KL40-07 509.7 512.7 3.26 32600 2.74 2.3 251 47 2 7 1 39 0.8 8.0 41 0.01
KL40-07 512.7 515.7 2.77 27700 2.9 1.7 221 115 7 8 3 40 1.8 11.5 58 0.01
KL40-07 515.7 518.7 3.59 35900 3.1 2.6 440 31 4 7 1 36 0.7 7.0 55 0.01
KL40-07 518.7 521.7 1.94 19400 1.78 2 470 186 1 2 3 31 0.4 5.0 45 0.01
KL40-07 521.7 524.7 3.25 32500 3.04 4.6 1340 1080 0.01 2 1 54 0.3 7.5 32 0.01
KL40-07 524.7 527.7 3.15 31500 2.8 3.8 1260 1650 0.01 5 4 53 0.5 5.0 39 0.01
KL40-07 527.7 530.7 3.19 31900 3.26 5.3 1070 410 9 21 3 56 0.9 6.0 64 0.01
KL40-07 530.7 533.7 3.29 32900 3.1 6.7 600 48 3 5 3 49 0.6 19.0 47 0.01
KL40-07 533.7 536.7 3.32 33200 2.92 5.4 790 86 2 10 3 53 0.4 12.0 40 0.01
KL40-07 536.7 539.7 2.82 28200 2.58 6.2 570 72 1 7 4 44 0.5 12.0 36 0.01
KL40-07 539.7 542.7 4.28 42800 5.3 10.2 1180 271 4 5 3 67 0.6 30.0 34 0.01
KL40-07 542.7 545.3 2.9 29000 3.15 5.4 600 42 2 4 4 59 0.3 5.0 36 0.01
KL40-07 545.3 547.1 2.11 21100 2.4 4 570 16 21 11 4 96 7.9 8.0 40 0.01
KL40-07 547.1 548.9
KL40-07 548.9 551.4 0.6 6000 0.72 8.8 4150 3470 49 4 25 27 1.5 16.0 33 0.01
KL40-07 551.4 554.2 0.88 8800 1.01 7.1 680 435 25 12 24 48 1.7 6.0 28 0.01
KL40-07 554.2 555.2 2.2 22000 2.56 20.1 1500 500 10 2 64 41 1.7 8.0 43 0.01
KL40-07 555.2 557.7 0.413 4130 0.32 4.1 1050 640 8 4 14 6 0.4 10.5 26 0.01
KL40-07 557.7 560.7 0.078 780 1.11 1.8 2300 810 50 16 12 2 0.7 4.3 23 0.01
KL40-07 560.7 563.7 0.407 4070 0.67 90 23000 26700 66 189 268 8 1.8 73.5 34 0.01
KL40-07 563.7 566.7 0.078 780 0.13 3.5 2610 1540 6 77 16 3 0.01 9.0 17 0.01
KL40-07 566.7 569.7 0.049 490 0.08 0.7 5140 1490 6 7 3 2 0.01 10.3 22 0.01
KL40-07 569.7 572.7 0.12 1200 0.21 1.8 2020 440 20 41 36 5 0.2 8.3 19 0.01
KL40-07 572.7 575.7 0.127 1270 0.22 2.1 2050 430 21 41 32 4 0.4 7.0 18 0.01
KL40-07 575.7 578.7 0.24 2400 0.39 2.6 520 57 17 77 12 5 0.7 5.5 26 0.01
KL40-07 578.7 581.7 0.166 1660 0.28 1.8 1230 240 22 122 26 4 0.3 5.8 21 0.01
KL40-07 581.7 584.7 0.167 1670 0.27 1.9 1440 260 25 107 32 4 0.3 8.7 19 0.01
KL40-07 584.7 587.7 0.245 2450 0.37 3 530 97 27 133 23 2 0.7 8.2 18 0.01
KL40-07 587.7 590.7 0.68 6800 1.07 5.7 690 41 40 93 10 6 0.4 8.1 16 0.1
KL40-07 590.7 593.7 0.67 6700 1.08 5.7 700 48 35 90 9 5 0.7 9.0 15 0.01
KL40-07 593.7 596.7 0.4 4000 0.6 4.3 10400 168 31 26 6 17 1 11.5 20 0.01



Appendix V - 338 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-07 596.7 599.7 0.41 4100 0.64 4.5 10200 156 28 30 6 16 0.7 10.3 21 0.01
KL40-07 599.7 602.7 0.402 4020 0.84 4.3 3400 359 130 100 5 4 0.8 11.0 16 0.1
KL40-07 602.7 605.7 0.421 4210 0.81 4.3 3600 368 130 102 5 5 1 10.6 16 0.1
KL40-07 605.7 608.7 1.04 10400 1.43 6.7 780 118 28 240 4 14 1 13.3 27 0.01
KL40-07 608.7 611.7 1.03 10300 1.51 6.9 760 110 31 236 3 16 1.1 13.5 29 0.01
KL40-07 611.7 614.7 0.23 2300 0.4 2.1 580 64 26 71 11 3 1.1 19.5 22 0.01
KL40-07 614.7 617.7 0.044 440 0.04 0.6 331 106 12 16 5 2 0.7 6.0 17 0.01
KL40-07 617.7 620.7 0.044 440 0.04 0.6 350 105 14 14 6 1 1 4.5 17 0.01
KL40-07 620.7 623.7 0.118 1180 0.12 1 347 130 12 18 1 3 0.5 2.5 24 0.01
KL40-07 623.7 626.7 0.121 1210 0.1 0.8 356 123 12 17 1 5 0.8 3.0 24 0.01
KL40-07 626.7 629.7 0.254 2540 0.35 3 460 104 38 127 24 3 0.8 8.6 19 0.01
KL40-07 629.7 632.7 0.095 950 0.08 1.8 610 460 34 4 9 2 1.6 7.5 19 0.01
KL40-07 632.7 635.7 0.097 970 0.09 1.7 620 460 32 3 9 4 1.7 6.0 20 0.01
KL40-07 635.7 638.7 0.458 4580 0.07 2.6 440 140 56 23 34 2 3 7.8 20 0.01
KL40-07 638.7 641.7 0.27 2700 0.27 1.4 430 67 29 6 4 4 0.4 5.3 22 0.01
KL40-07 641.7 644.7 0.261 2610 0.26 1.4 420 65 26 7 3 4 0.4 5.5 26 0.01
KL40-07 644.7 647.7 0.389 3890 0.07 2.4 450 148 52 22 32 3 2.5 11.3 19 0.01
KL40-07 647.7 650.7 0.077 770 0.05 0.6 191 21 12 4 1 2 0.01 3.3 21 0.01
KL40-07 650.7 653.7 0.241 2410 0.28 1.6 336 19 23 3 1 7 0.2 13.3 16 0.01
KL40-07 653.7 656.7 0.23 2300 0.3 1.8 334 21 25 3 2 4 0.01 14.3 17 0.01
KL40-07 656.7 659.7 0.26 2600 0.38 1.5 228 17 10 7 3 7 0.2 6.9 18 0.01
KL40-07 659.7 662.7 0.26 2600 0.39 1.8 232 19 12 6 4 9 0.2 4.3 18 0.01
KL40-07 662.7 665.7 0.67 6700 0.61 3.9 160 14 13 13 5 15 0.7 15.7 27 0.01
KL40-07 665.7 668.7 0.69 6900 0.49 4.1 262 16 33 12 3 16 1.4 7.8 8 0.01
KL40-07 668.7 671.7 0.7 7000 0.58 4.1 265 17 30 12 4 20 1.4 9.8 10 0.01
KL40-07 671.7 674.7 0.22 2200 0.21 1.4 211 15 23 4 0.01 1 0.6 4.5 23 0.01
KL40-07 674.7 677.7 0.66 6600 0.56 2.7 178 13 23 4 1 15 1 9.5 23 0.01
KL40-07 677.7 680.7 0.69 6900 0.56 2.9 182 15 20 5 1 12 0.5 9.3 22 0.01
KL40-07 680.7 683.7 0.459 4590 0.33 2.4 232 20 25 14 7 8 1.2 14.9 37 0.01
KL40-07 683.7 686.2 0.509 5090 0.4 1.2 75 12 15 18 1 12 1.2 10.0 20 0.01
KL40-07 686.2 689.2 0.505 5050 0.41 1.3 76 13 13 15 0.01 12 0.9 9.0 20 0.01
KL40-07 689.2 692.3 0.499 4990 0.53 1.6 218 80 7 116 2 11 0.01 7.0 38 0.01
KL40-07 692.3 695.4 0.435 4350 0.3 1.6 74 18 30 14 1 13 0.3 9.5 33 0.01
KL40-07 695.4 696.2 0.271 2710 0.06 1.2 55 8 3 19 1 7 0.01 4.8 17 0.01
KL40-07 696.2 698.6 0.434 4340 0.29 1.7 69 18 27 13 1 12 0.01 10.8 32 0.01
KL40-07 698.6 701.6 1.75 17500 1.28 4.8 76 11 6 11 10 16 0.8 10.0 60 0.01
KL40-07 701.6 704.6 1.49 14900 1.37 1.7 89 13 5 12 0.01 15 0.01 15.0 60 0.01
KL40-07 704.6 707.3 1.07 10700 0.89 1.8 78 10 4 6 0.01 12 0.01 9.3 51 0.01
KL40-07 707.3 710.4 0.504 5040 0.46 1.1 61 7 4 23 0.01 10 0.01 4.5 30 0.01
KL40-07 710.4 713.6 0.59 5900 0.81 2 122 10 2 92 0.01 10 0.01 5.3 21 0.01
KL40-07 713.6 716.6 0.63 6300 0.81 1.9 126 12 2 82 0.01 9 0.01 6.5 20 0.01
KL40-07 716.6 719.6 0.379 3790 0.39 1.8 61 11 2 119 2 6 0.01 4.3 16 0.01
KL40-07 719.6 722.6 0.387 3870 0.39 1.6 62 11 2 122 2 6 0.01 4.0 17 0.01
KL40-07 722.6 725.6 0.282 2820 0.07 1.6 58 10 1 20 2 6 0.01 6.3 19 0.01
KL40-07 725.6 728.6 0.529 5290 0.17 1.6 48 10 2 35 0.01 8 0.01 6.5 45 0.01
KL40-07 728.6 731.6 0.398 3980 0.23 0.9 65 15 5 93 0.01 11 0.01 8.5 36 0.01
KL40-07 731.6 734.6 0.496 4960 0.3 1.6 50 10 1 80 0.01 9 0.01 8.0 34 0.01
KL40-07 734.6 737.6 0.352 3520 0.23 0.9 38 9 1 67 0.01 10 0.01 6.3 38 0.01
KL40-07 737.6 740.6 0.362 3620 0.22 0.9 56 12 3 147 0.01 9 0.01 13.4 39 0.01
KL40-07 740.6 743.6 0.263 2630 0.21 0.6 64 19 1 10 0.01 5 0.01 4.0 28 0.01
KL40-07 743.6 746.6 0.242 2420 0.16 0.8 45 15 1 129 0.01 6 0.01 3.8 25 0.01
KL40-07 746.6 749.6 0.459 4590 0.38 1.2 90 48 7 8 0.01 5 0.01 4.5 29 0.01
KL40-07 749.6 752.6 0.58 5800 0.5 1.9 315 35 17 35 1 5 0.01 5.3 45 0.21
KL40-07 752.6 755.6 0.342 3420 0.14 1.3 68 18 4 121 1 6 0.01 7.0 43 0.01
KL40-07 755.6 758.6 0.351 3510 0.29 1.1 67 22 6 27 0.01 7 0.01 5.0 48 0.01
KL40-07 758.6 761.6 0.359 3590 0.14 1 247 87 3 566 0.01 8 0.01 7.8 41 0.01
KL40-07 761.6 764.6 0.521 5210 0.29 1.6 330 130 1 50 1 7 0.01 5.8 39 0.01
KL40-07 764.6 767.2 0.091 910 0.01 1.1 59 25 2 30 0.01 6 0.01 4.0 48 0.01
KL40-07 767.2 769.6 0.071 710 0.01 0.1 58 21 2 73 0.01 4 0.2 1.2 115 0.01
KL40-07 769.6 771.8 0.064 640 0.03 0.1 70 31 23 84 0.01 5 0.2 3.6 110 0.01
KL40-07 771.8 773.6 0.228 2280 0.15 1.5 74 34 29 20 3 11 0.6 6.8 72 0.01
KL40-07 773.6 776.6 0.327 3270 0.32 2.6 280 385 42 30 4 12 1.4 11.3 48 0.01
KL40-07 776.6 777.5 0.201 2010 0.03 1.8 264 142 25 62 2 5 0.8 4.5 144 0.01



Appendix V - 339 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-07 777.5 779.6 0.298 2980 0.04 2.5 278 145 45 203 3 10 2 8.0 136 0.01
KL40-07 779.6 782.6 0.346 3460 0.03 3.2 250 107 37 96 3 11 0.9 5.8 50 0.01
KL40-07 782.6 785.6 0.57 5700 0.07 2.6 117 54 7 289 1 8 0.4 10.5 238 0.01
KL40-07 785.6 788.6 0.374 3740 0.02 2.1 187 92 30 101 1 6 0.8 4.5 114 0.01
KL40-07 788.6 791.1 0.8 8000 0.11 8.2 770 510 400 76 5 5 11.6 4.5 201 2.3
KL40-07 791.1 794.3 0.257 2570 0.06 1.5 141 83 13 205 0.01 7 0.5 4.8 72 0.14
KL40-07 794.3 797.4 0.92 9200 0.07 5.4 560 240 630 365 4 9 5.1 8.5 110 0.37
KL40-07 797.4 799.2 1.04 10400 0.17 8.8 5200 2700 1100 930 0.01 16 19.4 18.8 89 1.34
KL40-07 799.2 800.4 0.69 6900 0.11 3.5 3100 1300 150 143 1 9 3.8 6.5 114 0.46
KL40-07 800.4 803.6 0.197 1970 0.04 1.3 440 94 29 157 0.01 8 0.6 3.0 39 0.01
KL40-07 803.6 806.6 0.209 2090 0.02 1.8 85 48 18 24 1 6 0.4 4.3 205 0.01
KL40-07 806.6 809.6 0.098 980 0.01 0.5 30 8 1 97 0.01 1 0.01 3.6 10 0.01
KL40-07 809.6 812.6 0.385 3850 0.09 1.3 220 138 15 51 0.01 8 0.3 4.5 22 0.01
KL40-07 812.6 815.6 0.332 3320 0.15 0.9 85 28 3 28 0.01 23 0.01 7.0 35 0.01
KL40-07 815.6 818.6 0.298 2980 0.09 1 49 9 0.01 246 0.01 10 0.01 4.3 21 0.01
KL40-07 818.6 821.6 0.291 2910 0.1 1 46 11 2 253 0.01 10 0.01 4.0 22 0.01
KL40-07 821.6 824.6 0.425 4250 0.17 1.1 72 13 2 206 0.01 18 0.01 6.5 14 0.01
KL40-07 824.6 827.6 0.443 4430 0.17 1 74 12 2 193 0.01 15 0.01 7.0 13 0.01
KL40-07 827.6 829.6 1.42 14200 0.51 3.9 209 6 8 18 1 29 0.4 12.5 30 0.01
KL40-07 829.6 832.6 1.52 15200 0.67 4.3 187 6 7 15 1 37 0.01 12.0 30 0.01
KL40-07 832.6 835.2 0.6 6000 0.39 2 167 1 5 11 3 34 0.4 5.5 35 0.01
KL40-07 835.2 836.5 0.625 6250 0.37 2.3 165 6 5 11 2 37 0.3 5.3 35 0.01
KL40-07 836.5 839.6 0.448 4480 0.35 2.2 275 75 21 93 3 12 4.4 5.8 23 0.11
KL40-07 839.6 842.6 1.46 14600 0.63 3.9 190 6 11 16 1 24 0.4 12.5 42 0.01
KL40-07 842.6 845.6 0.124 1240 0.08 0.8 263 8 6 13 1 5 0.2 3.3 24 0.01
KL40-07 845.6 848.6 0.62 6200 0.34 4.6 287 5 8 20 2 13 0.2 8.0 26 0.01
KL40-07 848.6 851.6 0.61 6100 0.34 4.2 272 5 7 19 2 15 0.3 8.3 27 0.01
KL40-07 851.6 854.6 1.45 14500 0.65 4.2 177 6 8 16 1 36 0.01 12.8 32 0.01
KL40-07 854.6 857.6 0.84 8400 0.39 1.9 138 24 20 57 1 21 0.01 9.0 50 0.01
KL40-07 857.6 860.6 0.74 7400 0.33 2.1 195 10 33 196 1 17 0.8 10.0 35 0.01
KL40-07 860.6 863.6 0.72 7200 0.37 2.3 199 17 37 213 1 17 0.7 9.5 32 0.01
KL40-07 863.6 866.6 1.5 15000 0.54 4 205 6 5 18 1 28 0.01 9.5 28 0.01
KL40-07 866.6 869.6 0.47 4700 0.26 3.5 272 7 10 34 2 8 0.01 8.3 15 0.01
KL40-07 869.6 872.6 0.46 4600 0.28 3.2 287 7 12 28 1 8 0.01 6.3 15 0.01
KL40-07 872.6 875.6 0.25 2500 0.2 1.7 207 6 8 14 1 4 0.5 4.8 21 0.01
KL40-07 875.6 878.6 0.24 2400 0.14 1.9 206 6 6 12 4 4 0.01 4.0 15 0.01
KL40-07 878.6 881.6 0.6 6000 0.38 4 650 10 21 20 5 14 0.01 5.0 26 0.01
KL40-07 881.6 884.6 0.173 1730 0.12 1.5 201 17 14 23 1 6 0.01 5.2 18 0.01
KL40-07 884.6 887.6 0.433 4330 0.34 2 323 68 26 95 3 15 3.6 3.8 23 0.01
KL40-07 887.6 890.6 0.088 880 0.07 0.8 123 6 5 16 1 4 0.2 2.5 17 0.01
KL40-07 890.6 893.6 0.127 1270 0.07 0.8 235 8 6 13 1 5 0.3 2.8 23 0.01
KL40-07 893.6 896.6 0.088 880 0.07 0.8 108 7 5 17 1 3 0.2 2.5 20 0.01
KL40-07 896.6 899.6 0.22 2200 0.1 1.5 358 42 11 14 1 2 0.4 3.3 15 0.01
KL40-07 899.6 902.3 0.226 2260 0.1 1.4 344 43 11 12 1 4 0.3 3.5 14 0.01
KL40-07 902.3 904.3 0.085 850 0.05 1.3 113 19 35 15 1 2 0.7 2.5 13 0.01
KL40-07 904.3 907.4 0.086 860 0.02 0.6 120 26 12 13 1 2 0.5 2.3 12 0.01
KL40-07 907.4 909.6 0.072 720 0.03 0.6 231 12 8 14 5 2 0.6 3.0 18 0.01
KL40-08 0 2.7 0.0024 24 0.04 0.1 690 143 13 6 0.01 1 4.6 1.5 18 0.01
KL40-08 2.7 5.7 0.0011 11 0.01 0.1 317 128 8 6 0.01 1 3.5 1.5 19 0.01
KL40-08 5.7 8.7 0.0027 27 0.05 1 530 162 19 6 0.01 1 10.4 1.8 18 0.1
KL40-08 8.7 11.7 0.0026 26 0.18 1.9 660 231 34 7 5 1 7.6 2.5 23 0.4
KL40-08 11.7 14.7 0.0084 84 0.26 2.1 1820 1000 47 3 4 1 22 6.0 21 0.28
KL40-08 14.7 17.7 0.0167 167 0.06 2.1 560 540 39 4 1 1 52 3.8 17 0.16
KL40-08 17.7 20.7 0.0048 48 0.05 1.2 710 450 32 9 2 1 9.7 1.0 18 0.1
KL40-08 20.7 23.7 0.0077 77 0.24 3.7 1130 920 110 31 14 2 8.2 2.3 30 0.22
KL40-08 23.7 26.7 0.0048 48 0.02 1.2 343 253 56 21 10 1 3 1.5 25 0.01
KL40-08 26.7 29.7 0.0047 47 0.08 0.1 175 65 66 11 4 1 8.5 0.0 32 0.01
KL40-08 29.7 32.7 0.0081 81 0.07 1.6 400 159 67 19 7 2 24 0.5 30 0.12
KL40-08 32.7 35.7 0.0246 246 0.29 2.5 303 215 120 82 27 1 24 2.1 58 0.16
KL40-08 35.7 38.7 0.0058 58 0.05 0.8 373 106 38 14 4 1 6.5 0.8 34 0.1
KL40-08 38.7 41.7 0.0142 142 0.04 0.1 147 68 48 16 6 1 4.6 0.8 30 0.1
KL40-08 41.7 44.7 0.0129 129 1.87 3.2 1030 740 120 14 2 2 20.3 2.5 26 0.26
KL40-08 44.7 47.7 0.0037 37 0.08 0.7 276 143 50 9 1 1 6.5 0.8 23 0.01



Appendix V - 340 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-08 47.7 50.7 0.0014 14 0.08 0.7 314 97 36 7 0.01 2 7.5 1.3 27 0.01
KL40-08 50.7 53.7 0.0056 56 0.18 2 3600 690 50 19 30 2 37.8 2.8 30 1.2
KL40-08 53.7 56.7 0.005 50 0.1 1.2 480 142 67 11 3 3 5.8 1.5 29 0.12
KL40-08 56.7 59.7 0.0052 52 0.05 0.1 230 112 50 24 6 2 4.6 1.3 29 0.01
KL40-08 59.7 62.7 0.0046 46 0.04 1.4 450 580 30 7 1 1 15.8 1.7 21 0.11
KL40-08 62.7 65.7 0.0084 84 0.05 0.9 460 420 39 16 0.01 1 10.5 1.3 24 0.01
KL40-08 65.7 68.7 0.0045 45 0.08 0.9 570 308 41 7 3 2 24 1.3 24 0.01
KL40-08 68.7 71.7 0.0025 25 0.1 2.2 750 341 37 7 0.01 1 7.9 3.5 24 0.01
KL40-08 71.7 74.7 0.049 490 0.15 13.4 3400 3070 190 4 0.01 1 52 32.0 23 0.1
KL40-08 74.7 77.7 0.0367 367 0.16 8.6 2825 1800 150 25 1 3 42 21.3 25 0.18
KL40-08 77.7 80.7 0.0096 96 0.31 1.4 840 460 150 20 6 2 13.8 4.3 35 0.14
KL40-08 80.7 83.7 0.0043 43 0.9 1.8 5200 900 64 7 4 1 12.6 6.0 36 0.16
KL40-08 83.7 86.7 0.05 500 0.23 12.1 13000 2400 69 24 77 12 40 157.0 44 0.16
KL40-08 86.7 89.7 0.054 540 0.25 13.4 13300 2500 76 23 75 10 32 145.0 43 0.1
KL40-08 89.7 92.7 0.0201 201 0.18 5 1550 1210 76 650 49 4 4.6 7.8 25 0.01
KL40-08 92.7 95.7 0.081 810 0.09 3.1 760 235 75 980 73 5 7.3 10.0 65 0.01
KL40-08 95.7 96.5 0.111 1110 0.21 2.3 148 121 660 1400 71 3 11.8 4.8 61 0.01
KL40-08 96.5 97.8 0.0199 199 0.05 0.8 130 46 31 420 4 3 6.1 1.5 29 0.01
KL40-08 97.8 99.9 0.047 470 0.1 1.2 309 70 48 50 5 10 16.4 2.0 16 0.01
KL40-08 99.9 102.8 0.054 540 0.12 0.9 153 51 29 114 3 7 2.6 2.5 21 0.41
KL40-08 102.8 103.7 0.464 4640 0.77 5.2 580 216 390 1410 10 2 180 6.0 81 0.65
KL40-08 103.7 105.9 2.18 21800 0.75 3.6 1260 400 670 377 4 5 310 12.0 136 1
KL40-08 105.9 107.7 2.89 28900 1.16 3.7 1490 1400 380 1200 3 5 120 4.5 79 0.47
KL40-08 107.7 110.4 1.83 18300 1 2.1 283 136 280 460 5 3 160 4.2 150 0.54
KL40-08 110.4 112.4 0.218 2180 0.97 13.7 32700 7500 500 87 6 6 40 6.0 61 0.68
KL40-08 112.4 114.9 0.453 4530 0.82 5.7 660 227 440 1280 10 3 190 6.8 89 0.68
KL40-08 114.9 117.5 0.056 560 0.68 4.2 212 129 160 670 8 1 16 7.8 108 0.23
KL40-08 117.5 119.1 0.066 660 0.89 7.2 5100 5600 220 455 6 3 12 8.0 81 0.2
KL40-08 119.1 122.1 0.456 4560 2.15 33.4 670 176 300 490 160 1 30 8.0 208 0.58
KL40-08 122.1 124.8 0.044 440 2.92 87 14800 28200 520 680 12 1 50 19.0 161 2.88
KL40-08 124.8 126.7 0.0126 126 0.19 6.4 4000 5700 150 56 5 1 4.8 10.3 46 0.01
KL40-08 126.7 128.7 0.0324 324 4.05 56 45700 8900 570 1380 16 5 40 19.5 161 2.93
KL40-08 128.7 131.7 0.153 1530 2.8 300 72000 41500 450 87 27 7 100 18.5 96 39.8
KL40-08 131.7 134.7 1.05 10500 2.31 300 83000 60200 1850 90 32 8 50 14.5 73 29.2
KL40-08 134.7 137.6 0.159 1590 2.47 13.6 15300 4300 510 206 6 5 29.8 13.5 32 1.72
KL40-08 137.6 140.4 0.33 3300 1.82 12.6 14400 2900 1160 120 8 9 53 15.0 49 1.3
KL40-08 140.4 142.1 0.0264 264 0.48 1.6 4900 800 78 126 0.01 3 2.5 4.5 25 0.26
KL40-08 142.1 145 0.076 760 1.33 8.3 4100 2540 340 368 1 4 18.8 7.0 39 0.5
KL40-08 145 146.7 0.21 2100 1.68 6.3 9300 4300 770 134 3 12 25.8 10.8 46 0.43
KL40-08 146.7 148.4 0.043 430 0.26 4.5 6100 2200 61 24 20 4 3.4 13.5 31 0.16
KL40-08 148.4 151.2 0.0094 94 0.17 3 2450 890 28 42 11 2 1.5 4.3 27 0.24
KL40-08 151.2 153.9 0.005 50 0.15 1.7 1130 313 18 23 9 1 1.8 2.6 31 0.18
KL40-08 153.9 156.4 0.0041 41 0.37 2 1150 470 23 22 8 2 3.5 3.5 27 0.1
KL40-08 156.4 158.7 0.0087 87 0.24 5.1 8700 2200 38 14 14 1 14.3 8.5 27 0.38
KL40-08 158.7 160.9 0.0056 56 0.18 2.1 2010 1250 31 37 6 1 4.9 3.0 29 0.16
KL40-08 160.9 163.7 0.32 3200 1.5 17.7 15000 5300 1480 192 24 9 53 12.5 48 2.85
KL40-08 163.7 166.6 0.0166 166 0.21 4 2520 790 45 57 14 2 2.5 2.8 31 0.13
KL40-08 166.6 169.8 0.096 960 0.4 22.2 11500 5600 230 166 46 3 22 14.0 21 0.64
KL40-08 169.8 172.8 0.0169 169 0.18 5.7 1980 1150 110 620 56 3 5.5 15.1 28 0.01
KL40-08 172.8 175.9 0.149 1490 0.41 25.6 20800 7500 220 156 45 17 12.3 24.5 20 0.4
KL40-08 175.9 178.6 0.092 920 0.4 18.7 11500 5100 240 152 36 4 30.5 15.0 21 0.6
KL40-08 178.6 180.2 0.091 910 0.37 19.9 12800 5700 190 100 36 7 16 25.5 19 0.37
KL40-08 180.2 182.4 0.0297 297 0.4 14.2 7300 3600 93 29 25 2 9.5 16.8 18 0.2
KL40-08 182.4 185.5 0.35 3500 2.07 12.1 13100 2500 490 329 47 16 10.3 31.5 43 0.45
KL40-08 185.5 188.6 0.53 5300 2.4 17.3 60500 3300 570 322 50 49 14.8 47.7 61 0.34
KL40-08 188.6 190.2 1.27 12700 2.26 45 86500 12900 800 345 160 50 23.6 86.5 99 0.49
KL40-08 190.2 192.6 1.89 18900 1.78 14.5 4900 740 1320 1520 48 57 14.8 84.0 68 0.24
KL40-08 192.6 195.6 2.65 26500 1.6 13.5 2900 1210 2600 1230 9 75 7.4 52.0 54 0.28
KL40-08 195.6 197.7 1.54 15400 1.3 5.7 1900 550 2560 3050 140 64 7.2 49.2 70 0.25
KL40-08 197.7 200.7 1.59 15900 1.12 8.7 1260 340 1970 910 33 89 24.7 39.0 73 0.26
KL40-08 200.7 203 1.48 14800 1.1 12.7 4600 740 2640 420 44 60 23.7 98.0 44 0.35
KL40-08 203 205.5 1.94 19400 1.78 33.7 31000 4700 2500 245 66 74 18.3 29.0 64 0.36
KL40-08 205.5 207.2 0.73 7300 1.2 39 47100 17200 8200 259 75 25 16 37.0 45 0.55



Appendix V - 341 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-08 207.2 209.7 0.54 5400 1.1 54 40600 39300 5900 321 100 19 30 63.0 75 0.35
KL40-08 209.7 212.7 0.058 580 0.25 14.2 8500 8900 280 75 31 5 5 27.0 36 0.1
KL40-08 212.7 215.3 0.0312 312 0.17 4 2300 3600 160 46 4 1 3.6 11.3 32 0.01
KL40-08 215.3 216.5 0.142 1420 0.31 6 7000 4100 140 101 13 3 4.7 17.8 47 0.01
KL40-08 216.5 218.7 0.085 850 0.25 5.6 6100 6000 270 126 7 2 5.7 14.9 24 0.01
KL40-08 218.7 221.7 0.0097 97 0.3 4 4500 3670 94 26 5 1 4.3 10.0 23 0.01
KL40-08 221.7 224.1 0.0209 209 0.28 7 8100 7600 130 18 10 2 6.5 6.5 25 0.12
KL40-08 224.1 225.9 0.0093 93 0.27 3.9 4800 5400 53 26 2 1 6.7 2.5 24 0.1
KL40-08 225.9 227.7 0.0216 216 0.35 10.2 8600 8100 150 30 9 1 8 12.1 23 0.16
KL40-08 227.7 230.7 0.0224 224 0.41 6.4 5500 6700 180 123 22 1 10 10.3 28 0.11
KL40-08 230.7 233.7 0.0251 251 0.33 14 12000 16300 330 51 5 3 15.4 17.0 27 0.16
KL40-08 233.7 235.9 0.073 730 0.35 26.5 32500 38700 550 168 4 1 36 9.5 25 0.16
KL40-08 235.9 238 0.0169 169 3.27 94 27500 26600 540 1720 10 1 36 12.0 90 4.48
KL40-08 238 239.7 0.0254 254 0.36 10.2 8300 8000 180 47 5 1 8.2 17.5 30 0.1
KL40-08 239.7 242.7 0.0167 167 0.23 8.6 5200 5200 140 70 3 2 8.1 20.3 24 0.14
KL40-08 242.7 245.7 0.04 400 0.43 20.4 22600 12300 160 100 24 1 11 28.5 29 0.21
KL40-08 245.7 248.7 0.0181 181 0.32 8.9 8500 5300 90 82 6 4 4.5 17.8 19 0.1
KL40-08 248.7 251.7 0.037 370 0.45 19.9 19300 16800 110 108 6 2 17.8 26.0 28 0.15
KL40-08 251.7 254.7 0.0192 192 0.46 6.6 4600 2480 110 35 2 2 4 14.5 25 0.11
KL40-08 254.7 257.7 0.037 370 0.41 10.2 9100 5600 94 137 25 3 8.1 15.5 24 0.15
KL40-08 257.7 260.3 0.0231 231 0.27 7.5 6500 3300 74 138 8 2 4 12.0 22 0.11
KL40-08 260.3 263.4 0.035 350 0.44 12.1 11600 7000 84 189 24 3 8.2 20.3 26 0.13
KL40-08 263.4 266.3 0.059 590 2.92 17.9 24400 7800 480 59 6 12 14 12.1 41 0.11
KL40-08 266.3 269.7 0.063 630 0.78 10.5 11100 4600 290 95 14 7 8.1 10.5 27 0.14
KL40-08 269.7 272.4 0.093 930 0.31 8.2 6400 4800 380 25 5 5 4.8 9.5 21 0.11
KL40-08 272.4 275.6 0.064 640 0.34 2.9 4600 1040 230 96 10 4 2.9 10.0 32 0.11
KL40-08 275.6 278.7 0.144 1440 0.62 3.1 13000 1070 280 340 26 9 8.5 31.3 58 0.23
KL40-08 278.7 281.7 0.0342 342 0.17 5.7 1920 1330 130 33 1 2 28 22.2 22 0.12
KL40-08 281.7 284.7 2.51 25100 3.44 18.8 3600 258 310 148 62 25 2.5 19.2 35 0.2
KL40-08 284.7 287.7 0.0328 328 0.31 0.9 384 76 63 77 3 3 3.5 4.0 21 0.1
KL40-08 287.7 290.7 0.0121 121 0.58 0.9 410 161 68 93 5 1 14.5 10.3 26 0.14
KL40-08 290.7 293.7 0.0069 69 0.54 2.5 354 370 460 8 0.01 2 12 6.0 18 0.14
KL40-08 293.7 296.7 0.0123 123 0.56 1.4 410 281 240 50 4 1 15.9 8.0 21 0.17
KL40-08 296.7 299.7 0.0038 38 0.15 0.9 114 56 130 16 0.01 3 2.3 6.3 45 0.01
KL40-08 299.7 302.7 0.0035 35 0.18 1.5 206 135 78 11 0.01 2 2.9 4.6 28 0.1
KL40-08 302.7 305.7 0.0035 35 0.15 4.7 650 500 56 6 0.01 3 4.2 10.3 18 0.01
KL40-08 305.7 308.7 0.0076 76 0.08 1.1 920 600 53 13 1 3 3.3 6.3 30 0.01
KL40-08 308.7 311.7 0.04 400 1.71 13.4 10800 4900 250 25 4 3 22.3 68.0 38 0.39
KL40-08 311.7 314.7 0.0095 95 0.25 3.6 2300 1300 97 37 11 1 5.3 8.5 28 0.11
KL40-08 314.7 317.7 0.0096 96 0.26 3.6 2300 1320 58 40 6 1 5.6 12.3 30 0.1
KL40-08 317.7 320.7 0.0052 52 0.06 0.9 1020 359 23 10 1 1 2.4 2.0 24 0.01
KL40-08 320.7 323.7 0.0369 369 1.72 11.6 11100 5000 250 25 3 4 22 75.0 41 0.39
KL40-08 323.7 326.7 0.011 110 0.05 2.4 2150 1480 55 8 2 1 2.3 15.8 24 0.01
KL40-08 326.7 329.7 0.56 5600 0.15 8.7 2500 312 35 86 2 18 2.6 11.5 24 0.01
KL40-08 329.7 332.7 0.063 630 0.04 1.4 1330 530 30 54 2 3 2.8 3.8 29 0.01
KL40-08 332.7 335.7 0.064 640 0.03 1.9 1420 630 36 56 2 4 2.7 4.5 28 0.01
KL40-08 335.7 338.7 0.27 2700 0.29 6.3 13600 1420 190 93 48 12 5 33.5 29 0.12
KL40-08 338.7 341.7 0.107 1070 0.17 2.7 5300 560 77 34 13 5 2.8 15.0 34 0.1
KL40-08 341.7 344.7 0.172 1720 0.37 2.7 1570 620 180 191 20 7 6.7 3.5 38 0.01
KL40-08 344.7 347.7 0.0138 138 0.5 3 3800 1360 250 55 3 3 8.4 2.8 32 0.7
KL40-08 347.7 350.7 0.177 1770 1.02 13.2 32300 7500 490 83 5 5 37 5.0 51 0.76
KL40-08 350.7 353.7 0.0037 37 0.06 1.1 470 116 32 55 1 2 1.3 0.0 29 0.01
KL40-08 353.7 356.7 0.028 280 0.28 8.6 9200 4500 260 136 1 1 11.3 1.5 29 0.13
KL40-08 356.7 359.7 0.0204 204 0.72 7.2 6400 3700 260 38 2 3 15.3 1.3 27 0.14
KL40-08 359.7 362.7 0.0103 103 0.05 0.5 386 134 88 7 0.01 2 1.1 0.6 34 0.01
KL40-08 362.7 365.7 0.0035 35 0.05 0.5 399 127 35 64 1 2 1.1 0.0 28 0.01
KL40-08 365.7 368.7 0.0069 69 0.01 0.1 325 130 13 4 0.01 1 0.5 1.0 30 0.01
KL40-08 368.7 371.7 0.0081 81 0.08 1.3 1320 810 57 10 2 3 2.8 11.0 26 0.01
KL40-08 371.7 374.7 0.0039 39 0.06 0.9 850 340 28 9 1 3 2.4 3.0 25 0.01
KL40-08 374.7 377.1 0.004 40 0.03 0.1 210 103 16 4 0.01 1 0.6 0.0 16 0.01
KL40-08 377.1 380.2 0.0041 41 0.02 0.1 560 410 20 31 2 1 1 0.0 23 0.01
KL40-08 380.2 383.3 0.0114 114 0.5 3.5 3200 1360 260 55 5 3 8.5 2.0 29 0.52
KL40-08 383.3 386.4 0.047 470 0.31 0.7 120 110 260 146 41 5 2.5 3.0 47 0.01



Appendix V - 342 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-08 386.4 389.5 0.171 1710 0.39 2.9 1750 900 230 193 17 6 4.8 6.3 34 0.01
KL40-08 389.5 392.6 0.0229 229 0.1 0.1 610 39 42 73 7 2 1 1.0 33 0.01
KL40-08 392.6 395.6 0.164 1640 0.38 2.3 800 248 130 82 4 5 3.9 4.5 34 0.01
KL40-08 395.6 398.6 0.093 930 0.11 0.6 335 62 29 71 1 3 1.3 2.3 24 0.01
KL40-08 398.6 401.6 0.0071 71 0.35 0.1 920 580 150 62 0.01 4 4 3.3 41 0.27
KL40-08 401.6 404.6 0.0113 113 0.51 0.1 244 87 250 25 1 2 3.8 6.3 36 0.52
KL40-08 404.6 407.6 0.0128 128 0.2 0.1 402 36 45 14 0.01 2 1.3 1.3 21 0.01
KL40-08 407.6 410.6 0.95 9500 3.61 4.9 22500 150 320 1290 38 29 12.8 31.3 56 0.01
KL40-08 410.6 413.1 0.066 660 0.88 0.1 278 32 150 620 14 5 3.3 2.0 44 0.01
KL40-08 413.1 416.2 0.056 560 1.7 1.6 800 600 440 2250 14 4 13.3 8.5 42 0.01
KL40-08 416.2 419.3 0.0241 241 0.28 0.1 480 94 200 405 4 3 2.9 2.0 45 0.01
KL40-08 419.3 422.5 0.57 5700 1.97 3.2 3900 165 290 430 28 19 14.3 8.0 49 0.1
KL40-08 422.5 425.6 0.189 1890 1.18 1.8 2900 204 250 890 40 6 1.2 8.5 82 0.01
KL40-08 425.6 428.6 0.527 5270 1.62 3.4 6800 270 210 570 40 28 10 13.5 71 0.12
KL40-08 428.6 431 0.0276 276 0.34 0.7 590 385 190 1050 12 3 3.7 4.3 55 0.01
KL40-08 431 434.1 0.0361 361 0.41 0.5 285 107 110 760 5 2 3.8 1.8 62 0.01
KL40-08 434.1 437.1 0.78 7800 0.7 11.5 3400 3000 480 759 13 3 26 4.5 82 0.29
KL40-08 437.1 440.1 0.29 2900 2.39 22.9 17500 6900 1160 1290 46 2 60 21.0 99 0.1
KL40-08 440.1 443.2 0.151 1510 0.27 1.1 940 62 180 367 9 4 6 3.6 43 0.01
KL40-08 443.2 446.3 2.72 27200 2.88 17.6 700 120 440 62 24 49 14 5.0 62 0.01
KL40-08 446.3 449.4 0.055 550 1.11 1.5 580 167 760 1090 38 2 16 4.5 55 0.01
KL40-08 449.4 452.5 0.31 3100 0.53 1.7 176 72 460 810 12 3 18 7.0 34 0.01
KL40-08 452.5 455.6 0.0163 163 0.18 0.8 280 103 52 380 1 1 6.5 1.8 95 0.01
KL40-08 455.6 458.6 0.0192 192 0.13 0.5 80 34 110 174 1 2 4 1.3 65 0.01
KL40-08 458.6 461.6 0.0174 174 0.11 0.1 77 30 47 530 8 3 3.1 5.0 64 0.01
KL40-08 461.6 464.6 0.0216 216 0.08 0.1 210 54 43 276 0.01 1 1.9 0.8 117 0.01
KL40-08 464.6 467.6 0.0141 141 0.06 0.1 108 26 51 445 1 1 2.4 0.7 78 0.01
KL40-08 467.6 470.6 0.0215 215 0.09 0.1 210 58 39 263 0.01 1 2.3 1.3 110 0.01
KL40-08 470.6 472 0.26 2600 2.44 7.1 570 430 710 90 49 2 7.6 12.5 52 0.01
KL40-08 472 473.7 0.0371 371 0.16 0.1 186 76 51 19 1 2 0.9 3.5 21 0.01
KL40-08 473.7 476.6 0.0184 184 0.19 0.1 97 86 50 18 1 1 2.2 1.5 19 0.01
KL40-08 476.6 479.6 0.043 430 0.27 0.1 4400 480 230 9 1 1 2.3 2.3 20 0.01
KL40-08 479.6 482.6 0.0094 94 0.03 0.1 231 73 27 11 0.01 1 0.8 1.8 19 0.01
KL40-08 482.6 485.6 0.106 1060 0.11 0.5 430 86 45 6 1 1 1.3 3.5 21 0.01
KL40-08 485.6 486.7 0.0109 109 0.04 0.1 298 43 28 5 0.01 1 0.8 2.0 19 0.01
KL40-08 486.7 489.7 0.0131 131 0.02 0.1 49 20 21 5 0.01 1 1.3 1.5 17 0.01
KL40-08 489.7 492.2 0.0069 69 0.03 0.1 250 67 26 8 0.01 1 1 0.7 20 0.01
KL40-08 492.2 495 0.088 880 0.14 0.1 1050 144 70 5 0.01 1 2.5 2.2 17 0.01
KL40-09 0 4.2 0.0208 208 0.03 8.7 5300 9100 25 15 0.01 5 16 118.0 20 0.01
KL40-09 4.2 6.9 0.0229 229 0.11 1.4 1210 480 29 224 3 2 8.3 4.6 29 0.01
KL40-09 6.9 9.4 0.221 2210 0.06 1.9 560 1120 14 9 3 2 4.9 7.5 12 0.01
KL40-09 9.4 11.3 0.0077 77 0.08 0.6 318 130 27 10 0.01 1 6.3 0.8 17 0.01
KL40-09 11.3 13.2 0.0075 75 0.08 0.6 351 133 23 28 2 1 6.1 1.8 72 0.01
KL40-09 13.2 15.4 0.535 5350 0.14 2.4 620 860 16 15 5 5 5.8 5.3 20 0.12
KL40-09 15.4 18 0.0051 51 0.05 0.9 540 278 15 13 0.01 1 3.2 2.0 18 0.01
KL40-09 18 20.7 0.0041 41 0.03 1.3 560 331 20 3 2 1 6.7 2.4 18 0.1
KL40-09 20.7 22.7 0.068 680 0.12 1.1 650 265 27 40 2 3 3.9 3.3 57 0.1
KL40-09 22.7 25.7 0.0114 114 0.05 2.8 1010 1060 22 16 7 1 12.1 5.8 21 0.26
KL40-09 25.7 28.6 0.9 9000 0.19 5.6 1180 3200 15 9 8 8 9.5 9.0 28 0.31
KL40-09 28.6 31.8 0.0089 89 0.09 2.3 710 830 37 17 4 1 5.9 11.5 23 0.01
KL40-09 31.8 34.9 0.0043 43 0.04 1.2 430 162 17 11 6 1 5.8 2.3 20 0.1
KL40-09 34.9 37.9 0.0042 42 0.04 0.6 910 163 32 60 5 1 15.6 2.0 22 0.16
KL40-09 37.9 41 0.0068 68 0.03 0.9 710 180 25 38 6 1 6.2 3.2 19 0.01
KL40-09 41 44.1 0.0055 55 0.14 1.9 890 280 64 227 22 1 10.8 3.8 36 0.01
KL40-09 44.1 47.1 0.046 460 0.09 2.3 1390 530 76 21 16 3 24 7.8 40 0.21
KL40-09 47.1 48.8 0.0343 343 0.13 1.6 1570 570 120 230 11 2 26 4.3 30 0.12
KL40-09 48.8 50.7 0.0161 161 0.04 1.3 281 128 30 345 19 1 3.6 3.3 32 0.01
KL40-09 50.7 53.7 0.0343 343 0.08 2.1 5030 620 44 52 16 2 7 9.4 21 0.01
KL40-09 53.7 56.7 0.095 950 0.07 0.9 530 285 30 19 4 1 2 7.8 39 0.01
KL40-09 56.7 59.7 0.0185 185 0.06 1.4 740 196 45 53 24 1 5 5.5 23 0.01
KL40-09 59.7 62.3 0.097 970 0.07 0.6 250 89 34 63 16 2 1.7 5.5 67 0.01
KL40-09 62.3 64.3 0.108 1080 0.05 1.1 780 386 15 41 4 4 2.3 6.3 17 0.01
KL40-09 64.3 67.5 0.0043 43 0.01 0.6 640 129 35 11 3 1 3.7 1.8 33 0.01



Appendix V - 343 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-09 67.5 70.7 0.0098 98 0.03 0.6 470 230 39 9 3 1 8 1.3 26 0.01
KL40-09 70.7 73.7 0.0054 54 0.02 0.7 470 210 32 17 3 1 4.3 1.5 23 0.01
KL40-09 73.7 76.9 0.0084 84 0.01 0.7 214 184 34 7 4 2 1.3 1.3 20 0.01
KL40-09 76.9 78.7 0.044 440 0.02 1 730 243 71 40 24 2 3.1 4.3 24 0.01
KL40-09 78.7 81.1 0.072 720 0.32 2.1 640 346 140 335 12 12 5.8 8.6 72 0.01
KL40-09 81.1 84.1 0.046 460 0.12 2.3 1350 1950 130 215 9 12 11.2 8.3 31 0.01
KL40-09 84.1 86.7 0.0417 417 0.48 2.1 2180 610 190 15 12 4 34 7.5 76 0.43
KL40-09 86.7 89.7 0.0211 211 0.09 2 720 460 92 10 14 5 12 5.0 32 0.01
KL40-09 89.7 92.1 0.033 330 0.08 3.4 2370 650 80 20 19 5 40 6.8 29 0.26
KL40-09 92.1 94.9 0.0181 181 0.12 1.6 1400 440 100 26 6 4 24 7.5 32 0.01
KL40-09 94.9 97.2 0.0061 61 0.07 1.4 600 262 60 15 8 2 5.7 2.0 26 0.01
KL40-09 97.2 98.7 0.0051 51 0.1 1.4 980 630 35 18 4 2 7.3 2.5 25 0.01
KL40-09 98.7 101.1 0.0012 12 0.03 0.7 660 178 7 1 0.01 1 3.1 1.5 19 0.01
KL40-09 101.1 104.2 0.0082 82 0.04 1.2 4200 1000 12 16 2 2 4.7 7.0 23 0.01
KL40-09 104.2 105.4 0.113 1130 0.15 28.9 46200 15500 140 18 34 2 18 485.0 47 0.15
KL40-09 105.4 107.7 0.0047 47 0.03 1.4 1140 520 19 3 0.01 1 2.5 13.8 27 0.01
KL40-09 107.7 110.7 0.0046 46 0.03 2.1 8900 1040 20 3 1 2 5.5 4.5 33 0.01
KL40-09 110.7 113.7 0.0358 358 0.21 9.9 30500 8400 50 7 0.01 6 20 11.5 43 0.14
KL40-09 113.7 116.7 0.0209 209 3.21 13.6 14200 7800 100 20 1 2 14 16.5 55 0.19
KL40-09 116.7 119.7 0.05 500 0.53 7.6 3500 6700 260 23 3 2 18.4 45.0 45 0.24
KL40-09 119.7 122.7 0.0052 52 0.07 1.6 580 310 30 24 5 2 3.3 5.8 22 0.01
KL40-09 122.7 125.7 0.0142 142 0.3 7.7 1420 530 76 15 14 1 17.9 9.0 24 0.19
KL40-09 125.7 128.7 0.0047 47 0.09 0.6 384 283 25 5 1 1 2 7.8 19 0.01
KL40-09 128.7 131.7 0.0062 62 0.04 0.6 425 203 26 18 2 1 2.5 4.0 35 0.01
KL40-09 131.7 134.2 0.08 800 0.07 0.8 570 375 28 12 2 1 2 6.8 36 0.01
KL40-09 134.2 137.2 0.0223 223 0.08 2.6 820 710 100 18 14 2 9.5 6.5 37 0.16
KL40-09 137.2 139.4 0.0376 376 0.16 2.9 3180 1000 57 18 4 3 8.7 23.2 104 0.17
KL40-09 139.4 142.4 0.0039 39 0.06 1 900 300 35 13 2 1 3.5 2.5 94 0.1
KL40-09 142.4 144.6 0.0042 42 0.06 0.9 860 283 26 18 1 1 3 2.9 97 0.1
KL40-09 144.6 146.3 0.0129 129 0.03 0.5 560 189 21 45 1 1 2.3 2.0 61 0.01
KL40-09 146.3 148.8 0.56 5600 1.02 11.7 1310 1270 1490 581 18 11 60 27.5 76 0.17
KL40-09 148.8 151.5 0.76 7600 0.44 6.8 181 136 2580 395 3 13 105 7.9 358 0.18
KL40-09 151.5 154.7 0.73 7300 0.34 6.1 134 123 2410 110 2 4 84 5.0 266 0.12
KL40-09 154.7 157.8 0.52 5200 0.36 7.1 260 312 1700 139 5 5 52 5.0 284 0.25
KL40-09 157.8 159.3 0.64 6400 0.31 5.3 101 77 2040 660 3 4 68 5.3 229 0.18
KL40-09 159.3 161.7 0.94 9400 0.44 5.6 80 104 2960 60 1 3 115 4.0 265 0.12
KL40-09 161.7 164.7 0.54 5400 0.24 3.9 75 91 2040 103 2 2 46 2.3 172 0.14
KL40-09 164.7 167.7 0.85 8500 0.17 8.8 147 140 2320 314 7 4 70 7.0 321 0.35
KL40-09 167.7 170.7 1.4 14000 1.06 8.9 258 129 2670 350 3 2 118 4.5 130 0.43
KL40-09 170.7 173.7 0.55 5500 1.08 10.3 184 108 1750 1910 5 4 72 8.4 291 0.34
KL40-09 173.7 176.7 0.275 2750 0.81 7 75 93 780 1100 6 5 42 6.8 127 0.18
KL40-09 176.7 179.7 0.192 1920 0.75 6.5 560 198 490 1180 6 6 30 9.8 213 0.29
KL40-09 179.7 182.7 0.136 1360 1.59 5.4 470 244 260 5300 8 4 50 14.0 221 0.33
KL40-09 182.7 185.7 0.338 3380 6.36 15.3 341 750 480 2630 44 10 63 17.2 97 0.57
KL40-09 185.7 188.8 0.26 2600 2.31 12.3 4480 1220 210 1160 23 18 24 11.3 72 0.32
KL40-09 188.8 191.7 0.12 1200 0.49 3.5 5270 1210 89 1170 13 13 17.4 12.5 48 0.21
KL40-09 191.7 194.7 0.096 960 0.37 2.2 4300 900 71 411 20 10 8.4 7.0 25 0.15
KL40-09 194.7 196.6 0.0386 386 2.81 1.5 2100 610 26 207 9 3 2.6 6.5 28 0.01
KL40-09 196.6 198.4 0.22 2200 0.34 4.2 8740 1670 100 354 14 8 8.8 12.0 32 0.16
KL40-09 198.4 200.1 0.083 830 0.45 2.1 3150 920 59 327 18 6 6.8 10.0 28 0.01
KL40-09 200.1 202.7 0.075 750 0.14 2 3100 910 77 329 12 3 4.2 8.8 32 0.16
KL40-09 202.7 204.6 0.058 580 0.15 2.1 1970 500 43 142 16 1 2.1 13.0 46 0.01
KL40-09 204.6 206.7 0.074 740 0.09 1.3 1170 176 20 53 8 1 1.3 9.3 36 0.01
KL40-09 206.7 209.7 0.0112 112 0.08 0.6 348 146 16 87 4 1 1 1.5 21 0.01
KL40-09 209.7 211.7 0.0067 67 0.03 0.1 156 55 7 70 3 1 0.5 3.0 28 0.01
KL40-09 211.7 214.5 0.063 630 0.14 2 970 263 29 248 12 3 3.9 10.0 31 0.01
KL40-09 214.5 215.3 0.121 1210 0.24 3.6 1530 303 56 331 24 10 9.1 15.0 32 0.01
KL40-09 215.3 217.8 0.0176 176 0.04 1.7 740 287 18 116 15 1 1.8 6.2 18 0.01
KL40-09 217.8 220.4 0.052 520 0.16 1.6 2240 600 54 270 12 4 4.7 7.3 31 0.01
KL40-09 220.4 222.1 0.095 950 0.21 3 1630 830 200 248 14 4 19.6 12.5 32 0.01
KL40-09 222.1 224.3 0.077 770 0.1 1.9 1310 550 100 64 9 4 15.2 9.0 28 0.01
KL40-09 224.3 227.5 0.0244 244 0.09 0.8 320 400 52 99 3 2 6.1 4.5 29 0.01
KL40-09 227.5 230 0.0296 296 0.16 0.9 2070 266 61 26 6 3 7.9 5.5 28 0.01



Appendix V - 344 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-09 230 232.4 0.0145 145 0.03 1.5 670 211 12 112 10 1 1 6.0 20 0.01
KL40-09 232.4 234.7 0.0055 55 0.03 0.9 1000 364 9 15 2 1 1.3 2.5 11 0.01
KL40-09 234.7 236.5 0.017 170 0.03 0.6 470 191 51 44 28 1 3.1 9.5 11 0.01
KL40-09 236.5 238 0.0126 126 0.04 0.8 510 271 13 42 7 1 1.2 3.5 12 0.01
KL40-09 238 239.9 0.0365 365 0.11 1.8 2400 630 130 185 20 3 20 8.5 24 0.12
KL40-09 239.9 242.1 0.069 690 0.13 1.8 1200 351 210 236 36 6 24 10.3 16 0.1
KL40-09 242.1 244 0.0106 106 0.04 0.6 440 147 17 38 5 1 1.3 3.9 11 0.01
KL40-09 244 246.2 0.0195 195 0.04 1.8 800 320 25 65 8 1 2.8 6.0 13 0.01
KL40-09 246.2 247.9 0.0203 203 0.02 0.1 530 160 25 10 2 1 2.4 3.0 10 0.01
KL40-09 247.9 249.7 0.003 30 0.02 0.1 800 197 4 7 1 1 0.4 1.8 15 0.01
KL40-09 249.7 251.8 0.0225 225 0.02 0.1 820 380 23 8 1 1 1.9 2.3 12 0.01
KL40-09 251.8 254.8 0.091 910 0.05 0.9 880 281 14 55 6 4 2 7.8 12 0.01
KL40-09 254.8 256.3 0.07 700 0.11 1.3 710 275 45 67 2 4 4.1 8.1 47 0.01
KL40-09 256.3 257.8 0.0144 144 0.03 0.1 650 67 10 208 2 1 0.8 3.3 11 0.01
KL40-09 257.8 260.9 0.056 560 0.08 9.2 16000 4210 34 500 46 7 14 20.0 14 0.14
KL40-09 260.9 263.1 0.053 530 0.1 5 10700 1100 68 58 42 3 10.5 18.5 18 0.01
KL40-09 263.1 265.8 0.0251 251 0.03 3.1 4000 1430 22 112 8 1 2.1 8.0 14 0.01
KL40-09 265.8 267.5 0.0119 119 0.02 0.1 800 160 15 120 2 1 1 3.0 12 0.01
KL40-09 267.5 269.7 0.043 430 0.04 1.4 850 373 31 39 2 1 7.6 6.3 14 0.01
KL40-09 269.7 271.9 0.0154 154 0.05 1 2010 320 21 55 3 1 3.2 5.8 12 0.01
KL40-09 271.9 275 0.0347 347 0.04 3.1 1560 328 30 130 34 1 1.3 26.3 19 0.01
KL40-09 275 277.1 0.081 810 0.16 15.5 3400 1220 240 286 180 5 4.6 80.0 16 0.01
KL40-09 277.1 279.9 0.048 480 0.24 1.3 1730 180 130 278 10 3 6.1 10.2 14 0.01
KL40-09 279.9 282.9 0.094 940 0.07 0.9 2230 89 120 580 4 4 5.5 12.5 18 0.01
KL40-09 282.9 286 0.0267 267 0.06 0.7 950 240 37 188 3 1 4 8.0 19 0.01
KL40-09 286 288.9 0.043 430 0.07 1.1 1070 180 57 133 5 3 6.2 7.4 14 0.01
KL40-09 288.9 291.7 0.0392 392 0.06 0.1 820 136 25 58 5 1 3 9.3 13 0.01
KL40-09 291.7 293.3 0.0174 174 0.04 0.6 216 87 18 131 3 1 3 3.9 14 0.01
KL40-09 293.3 296.2 0.041 410 0.05 1 560 166 13 79 6 1 2.3 7.8 14 0.01
KL40-09 296.2 298.8 0.0085 85 0.01 0.1 288 44 5 33 3 1 0.5 1.5 11 0.01
KL40-09 298.8 301.3 0.0245 245 0.02 0.7 329 277 8 78 4 1 0.6 5.0 13 0.01
KL40-09 301.3 302.8 0.295 2950 0.12 1.1 460 308 15 23 4 2 0.8 8.8 18 0.01
KL40-09 302.8 305.9 0.062 620 0.05 0.9 2450 1410 25 18 3 1 2.1 20.8 12 0.01
KL40-09 305.9 308.9 0.113 1130 0.05 1.4 1180 650 19 20 4 2 1.4 13.8 16 0.01
KL40-09 308.9 311.9 0.151 1510 0.18 1.1 356 167 19 15 5 1 0.9 7.8 12 0.01
KL40-09 311.9 314.9 0.73 7300 0.55 2.8 790 144 41 65 14 10 1.7 26.0 28 0.01
KL40-09 314.9 317.3 2.34 23400 1.39 5.5 159 17 35 90 5 21 1.1 33.0 24 0.01
KL40-09 317.3 320.4 1.36 13600 0.73 1.7 198 34 9 24 56 18 4.9 11.5 20 0.01
KL40-09 320.4 323.3 1.73 17300 0.37 3 268 13 12 30 12 18 4.2 13.5 34 0.01
KL40-09 323.3 326.4 3.78 37800 0.44 5.2 266 12 4 171 7 19 5.6 22.5 38 0.01
KL40-09 326.4 329.5 2.23 22300 0.32 4.7 284 21 10 37 8 21 5.9 11.0 25 0.01
KL40-09 329.5 332.6 1.52 15200 0.29 3.1 253 44 7 172 18 15 9.5 8.5 30 0.01
KL40-09 332.6 335.7 2.04 20400 0.28 5 163 14 5 10 20 15 4.1 9.8 24 0.01
KL40-09 335.7 337.4 3.32 33200 0.6 5.4 197 14 3 4 42 19 2.3 17.5 25 0.01
KL40-09 337.4 338.9 4.67 46700 0.71 3.7 216 19 6 363 4 20 3.7 21.3 35 0.01
KL40-09 338.9 341.3 4.82 48200 1.3 4.4 319 5 3 210 2 27 0.5 27.5 22 0.01
KL40-09 341.3 344.4 0.164 1640 0.07 0.6 78 89 19 19 1 9 1.8 8.3 33 0.01
KL40-09 344.4 346 0.171 1710 0.06 1.4 670 560 17 99 2 5 1.7 11.7 32 0.01
KL40-09 346 349.1 0.59 5900 0.3 1.6 62 16 14 54 1 21 0.2 11.8 21 0.01
KL40-09 349.1 351.8 0.167 1670 0.06 0.8 71 41 7 265 0.01 4 0.4 6.0 29 0.01
KL40-09 351.8 354.9 0.37 3700 0.4 6.8 1180 1500 170 660 9 7 32 13.2 36 0.1
KL40-09 354.9 356.7 0.078 780 0.07 0.7 243 460 26 23 0.01 5 4.5 8.3 17 0.01
KL40-09 356.7 359.5 0.354 3540 0.08 0.9 113 31 39 16 5 5 2.8 2.3 31 0.01
KL40-09 359.5 361.9 0.56 5600 0.2 1.1 248 25 25 166 1 29 0.4 7.0 31 0.01
KL40-09 361.9 364.1 0.375 3750 0.28 1.2 148 10 16 36 1 19 1 2.0 19 0.01
KL40-09 364.1 366.4 0.336 3360 0.08 0.9 87 54 12 22 0.01 4 2.6 2.1 10 0.01
KL40-09 366.4 368.7 0.22 2200 0.16 0.8 70 18 11 14 0.01 8 0.9 1.5 13 0.01
KL40-09 368.7 371 0.134 1340 0.13 0.1 320 45 28 10 0.01 25 0.8 3.5 16 0.01
KL40-09 371 373.7 0.14 1400 0.08 0.1 17300 14 8 4 0.01 80 12.3 5.5 27 0.01
KL40-09 373.7 375.8 0.84 8400 0.48 2.9 4800 32 9 12 0.01 50 0.9 9.7 16 0.01
KL40-09 375.8 377.9 0.88 8800 0.38 2.2 840 16 20 11 0.01 30 0.7 7.0 18 0.01
KL40-09 377.9 380.7 0.37 3700 0.29 1.3 3000 28 23 10 1 25 1.8 6.0 32 0.01
KL40-09 380.7 383.7 0.399 3990 0.55 1.5 144 22 38 14 7 8 5.2 4.0 24 0.01



Appendix V - 345 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-09 383.7 386.7 0.362 3620 0.2 0.7 113 26 26 31 2 7 5 3.8 30 0.01
KL40-09 386.7 389.7 0.22 2200 0.14 1 95 24 22 162 1 8 4.6 4.6 42 0.01
KL40-09 389.7 392.2 1.25 12500 0.67 5.7 338 21 29 21 35 33 4.2 9.5 25 0.01
KL40-09 392.2 394.1 0.296 2960 0.18 1.4 381 15 26 9 3 9 1.8 11.0 21 0.01
KL40-09 394.1 395.8 0.62 6200 0.31 1.2 440 15 28 18 1 10 0.8 3.8 20 0.01
KL40-09 395.8 398.2 0.196 1960 0.1 0.8 510 13 30 9 1 11 2 2.8 56 0.01
KL40-09 398.2 401.2 0.65 6500 0.26 2.5 740 21 13 9 11 22 10.8 4.8 29 0.01
KL40-09 401.2 404.3 0.067 670 0.07 0.1 191 13 15 5 1 5 0.8 1.0 30 0.01
KL40-09 404.3 406.4 0.075 750 0.04 0.1 285 11 22 8 0.01 2 2.1 1.3 17 0.01
KL40-09 406.4 407.9 0.095 950 0.06 0.1 570 44 34 7 0.01 3 1.1 2.3 19 0.01
KL40-09 407.9 410.9 0.456 4560 0.27 2.1 520 51 15 10 4 15 8.5 5.3 24 0.01
KL40-09 410.9 413.9 1.2 12000 0.48 3.8 332 10 4 9 14 25 5.8 12.5 23 0.01
KL40-09 413.9 416.9 0.409 4090 0.25 1.6 440 12 19 10 7 16 4.7 9.0 42 0.01
KL40-09 416.9 419.9 1.02 10200 0.47 2.2 279 44 28 8 5 19 5.8 13.0 40 0.01
KL40-09 419.9 422.9 4.38 43800 1.35 6.6 2500 21 13 9 2 47 1.5 32.5 25 0.01
KL40-09 422.9 425.7 1.98 19800 0.95 2.3 900 10 1 4 3 45 0.9 16.0 24 0.01
KL40-09 425.7 428.7 2.41 24100 0.98 4.6 16000 10 2 7 7 96 1 21.5 32 0.01
KL40-09 428.7 431.7 2.03 20300 0.71 3.8 1760 10 2 5 10 87 0.8 24.0 17 0.01
KL40-09 431.7 434 2.02 20200 1.07 5.4 7000 11 4 5 60 119 1 17.5 20 0.01
KL40-09 434 438.7 1.88 18800 0.64 2.9 2090 12 6 4 7 85 2.2 14.0 38 0.01
KL40-09 438.7 440.7 1.64 16400 0.3 2 16200 14 2 2 4 115 7.3 11.0 78 0.01
KL40-09 440.7 443.7 1.7 17000 0.62 3.3 5000 16 0.01 7 8 84 2.8 14.0 33 0.01
KL40-09 443.7 446.7 2.8 28000 1.52 4.2 1750 9 1 3 6 74 1.2 12.0 59 0.01
KL40-09 446.7 449.7 1.46 14600 1.11 10.5 1950 640 9 5 40 120 7.5 16.0 30 0.01
KL40-09 449.7 450.5 1.1 11000 0.76 1.6 2700 17 4 3 2 104 2.8 13.7 45 0.01
KL40-09 450.5 452.7 0.424 4240 0.48 1.1 188 42 10 329 2 14 1.2 5.3 93 0.01
KL40-09 452.7 454.3 0.185 1850 0.09 1.3 321 168 2 24 3 12 0.01 4.0 70 0.01
KL40-09 454.3 456.2 0.55 5500 0.17 0.8 158 37 6 20 1 10 0.5 6.4 77 0.01
KL40-09 456.2 458.2 0.22 2200 0.16 0.9 202 96 3 21 1 6 0.4 4.8 106 0.01
KL40-09 458.2 461.2 0.349 3490 0.21 1.1 186 68 3 81 1 8 0.7 3.9 98 0.01
KL40-09 461.2 463.3 0.116 1160 0.09 0.6 121 67 13 108 1 5 3.3 5.3 112 0.01
KL40-09 463.3 466.1 0.164 1640 0.14 0.6 65 20 7 19 0.01 5 0.5 1.8 82 0.01
KL40-09 466.1 469.2 0.21 2100 0.15 0.7 61 18 9 11 0.01 7 2.4 2.0 30 0.01
KL40-09 469.2 471.6 0.22 2200 0.32 0.8 48 15 3 8 1 5 0.01 3.0 28 0.01
KL40-09 471.6 473.8 0.24 2400 0.39 0.9 73 12 4 156 0.01 4 0.01 2.5 91 0.01
KL40-09 473.8 476.8 0.22 2200 0.38 0.6 45 17 4 9 0.01 6 0.5 2.3 64 0.01
KL40-09 476.8 479.8 0.175 1750 0.17 0.1 68 38 4 10 0.01 5 0.9 2.3 49 0.01
KL40-09 479.8 482.8 0.34 3400 0.15 0.8 74 24 14 11 2 3 1.6 4.5 97 0.01
KL40-09 482.8 485.8 0.169 1690 0.15 0.8 75 50 4 12 0.01 3 1 3.0 71 0.01
KL40-09 485.8 488.8 0.499 4990 0.22 0.9 65 17 2 18 0.01 6 0.01 3.3 60 0.01
KL40-09 488.8 491.9 0.54 5400 0.12 2 660 410 20 108 2 7 1.7 8.8 111 0.01
KL40-09 491.9 494.9 0.29 2900 0.14 1.2 61 20 2 19 1 10 0.3 3.8 64 0.01
KL40-09 494.9 497.7 0.403 4030 0.5 1.1 88 18 4 7 1 6 0.2 3.5 41 0.01
KL40-09 497.7 500.7 0.29 2900 0.24 1.2 40 22 1 6 1 4 0.3 2.8 55 0.01
KL40-09 500.7 503.7 0.461 4610 0.35 1.6 95 45 4 4 1 5 0.3 5.3 54 0.01
KL40-09 503.7 506.7 1.68 16800 0.93 5.7 251 168 36 30 11 4 10.5 3.9 126 0.19
KL40-09 506.7 509.7 0.432 4320 0.32 4.4 83 61 16 301 40 4 2.4 5.0 61 0.01
KL40-09 509.7 511.2 0.178 1780 0.17 1.1 72 30 2 11 1 6 0.3 2.6 58 0.01
KL40-09 511.2 512.7 0.162 1620 0.39 2.3 88 37 13 7 7 6 2 3.3 72 0.01
KL40-09 512.7 515.7 0.188 1880 0.22 1.1 146 68 3 15 1 4 0.3 2.0 72 0.01
KL40-09 515.7 518.7 0.22 2200 0.23 1.9 510 1350 9 9 1 6 0.6 1.3 65 0.01
KL40-09 518.7 521.7 0.23 2300 0.49 1.3 97 53 7 5 3 7 0.9 2.3 82 0.01
KL40-09 521.7 524.7 0.145 1450 0.35 1.8 121 64 18 4 4 6 1.3 2.5 63 0.01
KL40-09 524.7 527.6 0.213 2130 0.29 1.3 126 53 10 2 4 8 0.4 3.7 59 0.01
KL40-09 527.6 529.5 0.24 2400 0.19 1 57 23 3 7 0.01 6 0.4 3.6 95 0.01
KL40-09 529.5 530.9 0.098 980 0.04 0.9 70 34 6 35 1 3 0.7 1.6 169 0.01
KL40-09 530.9 533.9 0.065 650 0.06 1 84 51 12 58 2 6 1.6 7.0 257 0.01
KL40-09 533.9 536.9 0.141 1410 0.04 1.4 161 214 8 425 3 1 3.3 1.9 173 0.01
KL40-09 536.9 538.9 0.62 6200 0.74 3.1 1260 1170 1860 25 3 2 110 5.8 153 0.17
KL40-09 538.9 540.5 0.148 1480 0.33 1.7 180 131 180 86 3 2 30 6.0 179 0.01
KL40-09 540.5 542.7 0.417 4170 1.19 4.1 78 98 380 42 5 2 18.4 5.5 160 0.1
KL40-09 542.7 545.7 0.23 2300 0.09 1 27 23 27 86 1 3 6.3 1.7 187 0.01
KL40-09 545.7 548.7 0.189 1890 0.04 0.8 31 30 12 45 1 3 1.8 3.5 211 0.01



Appendix V - 346 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-09 548.7 550.1 0.21 2100 0.07 0.8 37 60 3 35 1 4 1.9 3.1 188 0.01
KL40-09 550.1 553.3 0.159 1590 0.05 0.7 100 37 6 23 2 3 2 4.0 233 0.01
KL40-09 553.3 556.5 0.168 1680 0.11 1.1 43 23 4 18 2 5 1.6 8.3 204 0.01
KL40-09 556.5 559.6 0.115 1150 0.06 0.6 25 16 40 21 1 2 7.5 3.5 193 0.01
KL40-09 559.6 561.4 0.078 780 0.24 1 510 59 120 62 4 4 17.7 8.8 181 0.01
KL40-09 561.4 563.7 0.078 780 0.15 0.7 96 48 130 17 3 3 42 5.8 193 0.01
KL40-09 563.7 566.7 0.089 890 0.05 0.6 70 36 170 26 2 2 20 2.5 154 0.01
KL40-09 566.7 569.7 0.165 1650 0.08 0.9 118 41 210 33 2 2 26 4.0 156 0.01
KL40-09 569.7 572.7 0.476 4760 0.14 0.7 104 32 460 71 2 2 26 3.5 188 0.01
KL40-09 572.7 575.7 0.24 2400 0.15 1.1 155 42 570 40 2 2 42 3.5 183 0.01
KL40-09 575.7 578.2 0.193 1930 0.44 1.3 135 57 60 193 5 9 24 11.5 168 0.01
KL40-09 578.2 581.4 0.075 750 0.08 0.6 92 27 160 73 2 5 28 4.3 179 0.01
KL40-09 581.4 584.6 0.22 2200 0.17 1.4 181 43 480 153 3 4 40 8.5 178 0.01
KL40-09 584.6 587.7 0.36 3600 0.22 2.1 309 80 160 15 3 4 8.4 2.3 239 0.01
KL40-09 587.7 590.2 0.221 2210 0.25 1.9 450 68 160 824 9 5 17.3 9.3 236 0.01
KL40-09 590.2 593.3 0.195 1950 0.2 1.6 416 39 510 217 2 3 66 4.2 117 0.01
KL40-09 593.3 595 0.165 1650 0.22 1 580 193 400 235 6 3 70 8.5 171 0.01
KL40-09 595 596.7 0.489 4890 0.26 1.9 500 1430 660 136 2 3 48 2.3 48 0.11
KL40-09 596.7 599.7 0.67 6700 0.47 1.7 31 17 110 25 1 2 20 0.8 147 0.01
KL40-09 599.7 602.7 0.165 1650 0.14 1 210 18 19 28 2 5 4.5 1.5 224 0.01
KL40-09 602.7 605.7 0.27 2700 0.27 1.4 49 18 160 42 2 3 22 1.5 190 0.01
KL40-09 605.7 608.7 0.198 1980 0.15 1.3 23 12 120 59 2 2 40 1.6 44 0.01
KL40-09 608.7 611.7 0.3 3000 0.14 1.8 156 56 45 184 3 7 14.9 3.8 61 0.01
KL40-09 611.7 614.7 0.194 1940 0.04 1.5 16 14 5 42 3 3 1.8 4.1 244 0.01
KL40-09 614.7 617.7 0.193 1930 0.05 1.1 32 23 25 27 3 3 2.2 3.8 68 0.01
KL40-09 617.7 620.7 0.21 2100 0.11 1.6 23 17 3 25 3 3 1.1 1.8 210 0.01
KL40-09 620.7 623.7 0.149 1490 0.12 1.6 36 25 4 20 3 4 1.1 1.6 218 0.01
KL40-09 623.7 626.7 0.177 1770 0.06 0.6 15 15 8 50 1 4 0.8 2.0 265 0.01
KL40-09 626.7 629.1 0.23 2300 0.15 1.5 190 152 44 395 1 6 14.5 4.0 126 0.01
KL40-09 629.1 632.7 0.23 2300 0.05 1.2 29 18 1 38 1 3 0.6 1.7 59 0.01
KL40-09 632.7 635.7 0.21 2100 0.06 1.3 133 14 1 99 1 7 0.6 2.7 240 0.01
KL40-09 635.7 638.7 0.168 1680 0.01 1.1 73 36 2 56 0.01 3 2 2.3 240 0.01
KL40-09 638.7 641.7 0.117 1170 0.04 1 54 30 5 119 5 5 3.2 3.5 220 0.01
KL40-09 641.7 644.7 0.168 1680 0.09 1.2 71 25 15 75 2 4 6.9 2.6 44 0.01
KL40-09 644.7 647.7 0.159 1590 0.03 0.8 34 17 7 36 1 10 1.4 4.4 232 0.01
KL40-09 647.7 650.7 0.141 1410 0.02 0.8 18 8 2 42 2 5 0.8 2.0 172 0.01
KL40-09 650.7 653.7 0.144 1440 0.01 0.9 22 9 0.01 169 1 5 0.3 1.7 266 0.01
KL40-09 653.7 656.9 0.122 1220 0.05 0.8 34 15 0.01 126 1 5 0.7 1.7 218 0.01
KL40-09 656.9 659.9 0.159 1590 0.04 1.4 261 257 0.01 161 6 3 1.3 2.3 298 0.01
KL40-09 659.9 662.9 0.165 1650 0.07 0.9 263 80 0.01 89 2 3 0.5 2.3 174 0.01
KL40-09 662.9 665.9 0.22 2200 0.03 0.9 53 25 1 39 1 4 0.01 2.8 184 0.01
KL40-09 665.9 668.9 0.172 1720 0.01 0.8 112 37 2 99 2 2 0.8 2.3 227 0.01
KL40-09 668.9 670 0.25 2500 0.03 1 267 54 9 160 1 3 1.3 3.5 42 0.01
KL40-09 670 673 0.322 3220 0.01 1.3 131 65 6 530 1 2 0.7 4.0 61 0.01
KL40-09 673 674.7 0.202 2020 0.11 0.9 257 78 0.01 39 0.01 4 0.01 3.0 50 0.01
KL40-09 674.7 677.7 0.27 2700 0.13 2.8 420 242 8 96 13 13 1.1 3.5 295 0.01
KL40-09 677.7 679.8 0.194 1940 0.03 1.5 292 116 2 68 2 2 0.2 2.0 243 0.01
KL40-09 679.8 682.9 0.197 1970 0.07 1.5 1210 353 0.01 44 1 5 0.6 2.2 37 0.01
KL40-09 682.9 685.9 0.22 2200 0.03 1.1 100 50 0.01 51 1 4 0.4 2.5 204 0.01
KL40-09 685.9 687.8 0.173 1730 0.02 1 237 100 0.01 150 0.01 4 0.4 4.5 150 0.01
KL40-09 687.8 689.7 0.142 1420 0.02 0.9 114 49 0.01 67 1 4 0.4 1.8 170 0.01
KL40-09 689.7 692.7 0.198 1980 0.03 1.5 32 16 0.01 109 1 4 0.3 2.8 177 0.01
KL40-09 692.7 695.7 0.178 1780 0.04 0.7 164 51 2 104 1 2 0.01 1.8 228 0.01
KL40-09 695.7 698.7 0.155 1550 0.02 0.6 125 58 2 165 0.01 2 0.6 1.0 73 0.01
KL40-09 698.7 701.7 0.198 1980 0.01 0.7 67 48 1 610 0.01 2 0.2 2.0 64 0.01
KL40-09 701.7 704.7 0.198 1980 0.01 1 108 66 1 289 0.01 1 0.5 2.3 214 0.01
KL40-09 704.7 707.7 0.181 1810 0.03 1.1 130 26 9 74 3 4 1.6 5.9 215 0.01
KL40-09 707.7 710.7 0.173 1730 0.2 0.8 136 143 57 91 2 10 1 4.3 56 0.01
KL40-09 710.7 713.7 0.135 1350 0.03 1.1 100 88 93 122 1 3 1.6 2.8 275 0.01
KL40-09 713.7 716.7 0.29 2900 0.07 1 138 86 30 70 2 2 2.5 3.5 33 0.01
KL40-09 716.7 718.7 0.276 2760 0.01 1.2 56 37 5 33 1 1 0.5 4.8 210 0.01
KL40-09 718.7 721.7 0.317 3170 0.01 1 72 41 2 31 1 2 0.9 3.3 213 0.01
KL40-09 721.7 724.5 0.23 2300 0.01 1.5 37 24 17 27 1 2 0.01 2.5 253 0.01



Appendix V - 347 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL40-09 724.5 727.3 0.21 2100 0.01 1.4 50 20 11 22 0.01 2 0.7 2.3 203 0.01
KL40-09 727.3 728.7 0.284 2840 0.01 0.7 47 19 12 157 1 2 0.6 2.5 208 0.01
KL40-09 728.7 731.7 0.288 2880 0.01 1 51 31 3 129 0.01 2 0.6 2.8 205 0.01
KL40-09 731.7 734.7 0.271 2710 0.01 0.8 38 13 17 348 0.01 2 1.3 2.4 230 0.01
KL40-09 734.7 737.7 0.366 3660 0.06 1.1 47 14 5 46 1 4 0.8 3.0 154 0.01
KL40-09 737.7 740.7 0.21 2100 0.03 1 54 16 9 18 1 3 1.2 1.8 262 0.01
KL40-09 740.7 743.7 0.14 1400 0.08 0.9 28 13 13 125 0.01 6 1.4 2.8 180 0.01
KL40-09 743.7 746.7 0.148 1480 0.01 0.6 37 18 6 279 0.01 3 0.7 1.3 206 0.01
KL40-09 746.7 749.7 0.151 1510 0.01 0.6 47 23 3 45 0.01 3 0.4 1.8 198 0.01
KL40-09 749.7 752.7 0.123 1230 0.01 0.1 64 31 4 34 0.01 2 1 1.4 238 0.01
KL40-09 752.7 755.7 0.165 1650 0.02 0.8 74 40 1 15 0.01 3 0.01 1.5 192 0.01
KL40-09 755.7 758.6 0.365 3650 0.1 1 75 37 10 103 2 2 2.2 2.5 196 0.01
KL40-09 758.6 761.7 0.192 1920 0.02 0.6 41 14 1 97 0.01 3 0.3 1.5 210 0.01
KL40-09 761.7 764.7 1.15 11500 0.32 1.9 2500 16 4 14 3 38 0.3 9.8 134 0.01
KL40-09 764.7 767.7 0.143 1430 0.01 0.1 47 17 2 112 0.01 4 0.2 1.5 158 0.01
KL40-09 767.7 769.3 0.083 830 0.01 0.1 43 18 1 74 0.01 5 0.5 1.3 106 0.01
KL40-09 769.3 771.7 0.177 1770 0.01 0.1 63 25 2 60 0.01 3 0.3 1.0 206 0.01
KL40-09 771.7 773.7 0.075 750 0.01 0.6 34 26 13 63 0.01 1 2 2.0 197 0.01
KL40-09 773.7 776.7 0.169 1690 0.02 0.8 54 28 22 23 0.01 5 1.8 1.6 208 0.01
KL40-09 776.7 778.7 0.195 1950 0.01 0.7 40 20 4 46 0.01 1 0.6 1.3 241 0.01
KL40-09 778.7 780.5 0.178 1780 0.02 0.6 18 12 6 26 0.01 1 0.8 0.8 197 0.01
KL40-09 780.5 782.7 0.193 1930 0.01 0.1 95 42 11 23 0.01 1 3.8 0.5 188 0.01
KL42-01 0 3.3 0.0076 76 0.01 0.6 72 93 4 0.01 0.01 0.01 1.7 0.7 13 0.01
KL42-01 3.3 6.5 0.001 10 0.02 1.2 165 195 15 0.01 0.01 0.01 3.1 1.2 16 0.1
KL42-01 6.5 9.6 0.002 20 0.02 0.7 141 99 6 0.01 0.01 0.01 2.4 1.1 15 0.1
KL42-01 9.6 12 0.0007 7 0.01 0.01 189 69 10 0.01 0.01 0.01 1.3 0.9 48 0.01
KL42-01 12 13.9 0.0009 9 0.01 0.7 145 73 13 0.01 0.01 0.01 1.8 0.5 15 0.01
KL42-01 13.9 17.7 0.0011 11 0.01 0.6 94 65 9 0.01 0.01 0.01 1.7 0.8 16 0.01
KL42-01 17.7 19.8 0.0024 24 0.01 0.5 121 60 8 0.01 0.01 0.01 1.2 1.5 16 0.01
KL42-01 19.8 21.9 0.0011 11 0.01 0.01 133 48 9 2 0.01 0.01 1.3 1.6 15 0.01
KL42-01 21.9 24.2 0.0009 9 0.03 0.01 68 36 8 2 0.01 0.01 1.5 1.5 17 0.01
KL42-01 24.2 26.5 0.0009 9 0.02 0.01 63 27 6 0.01 0.01 0.01 1 1.5 21 0.01
KL42-01 26.5 29.5 0.0016 16 0.01 0.5 72 75 15 0.01 0.01 0.01 1.1 0.6 25 0.01
KL42-01 29.5 32.5 0.0007 7 0.04 0.01 70 32 5 0.01 0.01 0.01 1.8 1.0 35 0.12
KL42-01 32.5 35.4 0.0021 21 0.03 1.6 710 410 10 0.01 2 2 3.8 1.2 26 0.19
KL42-01 35.4 38.2 0.0022 22 0.02 1.4 640 650 9 0.01 0.01 0.01 2.5 1.3 35 0.13
KL42-01 38.2 41.5 0.001 10 0.01 0.7 86 48 24 2 0.01 0.01 3.9 1.9 24 0.1
KL42-01 41.5 45.3 0.0015 15 0.16 3.6 229 151 18 0.01 0.01 0.01 10 1.0 30 0.43
KL42-01 45.3 50.3 0.0011 11 0.2 2.4 181 113 15 0.01 0.01 0.01 4 1.1 26 0.18
KL42-01 50.3 51.8 0.003 30 0.03 2.2 830 760 11 0.01 2 0.01 2.2 2.3 22 0.01
KL42-01 51.8 54.9 0.0008 8 0.01 0.01 36 40 14 3 0.01 0.01 1.1 1.6 27 0.01
KL42-01 54.9 58 0.0013 13 0.01 0.01 22 22 15 2 0.01 0.01 0.7 1.0 45 0.01
KL42-01 58 59.6 0.0013 13 0.01 0.6 28 22 29 3 0.01 0.01 1.3 2.5 30 0.01
KL42-01 59.6 62.5 0.0008 8 0.02 0.5 44 47 18 2 0.01 0.01 0.9 2.1 19 0.01
KL42-01 62.5 65.5 0.0007 7 0.03 0.01 39 41 13 0.01 0.01 0.01 1.2 1.5 18 0.01
KL42-01 65.5 67.9 0.001 10 0.07 0.8 85 72 19 2 0.01 0.01 4.1 1.7 23 0.01
KL42-01 67.9 71 0.0032 32 0.02 0.6 39 39 17 4 0.01 2 3.9 1.6 26 0.01
KL42-01 71 73.6 0.0164 164 0.02 4.6 298 237 39 3 0.01 0.01 4.8 7.8 20 0.01
KL42-01 73.6 75 0.0026 26 0.01 1.5 199 460 12 2 0.01 0.01 9.3 3.0 20 0.14
KL42-01 75 77.5 0.0035 35 0.2 2.6 195 480 32 3 0.01 2 23 2.2 32 0.15
KL42-01 77.5 80.5 0.001 10 0.14 1.1 70 188 22 0.01 0.01 0.01 12 1.8 25 0.1
KL42-01 80.5 83.5 0.0011 11 0.02 0.9 66 74 7 0.01 0.01 0.01 1.8 2.4 20 0.01
KL42-01 83.5 86.5 0.001 10 0.07 0.7 58 53 9 0.01 0.01 0.01 3.1 1.3 30 0.11
KL42-01 86.5 89.5 0.0022 22 0.04 1.5 251 155 9 4 2 0.01 2.6 2.1 24 0.01
KL42-01 89.5 92.5 0.001 10 0.03 1.1 241 206 11 0.01 0.01 0.01 1.8 2.2 24 0.1
KL42-01 92.5 96 0.0013 13 0.1 1.3 308 500 19 2 0.01 2 4.8 6.3 31 0.22
KL42-01 96 98.3 0.0016 16 0.04 1.1 50 214 19 0.01 0.01 0.01 4.9 5.8 25 0.01
KL42-01 98.3 101.4 0.0035 35 0.06 1.5 169 232 21 0.01 0.01 0.01 18 4.7 23 0.2
KL42-01 101.4 104.5 0.0011 11 0.05 0.01 61 116 15 0.01 0.01 0.01 4.5 1.9 22 0.01
KL42-01 104.5 107.5 0.001 10 0.09 0.7 64 154 17 3 0.01 0.01 6.7 1.5 19 0.01
KL42-01 107.5 110.1 0.0026 26 0.09 1.2 142 520 39 4 0.01 0.01 35 4.9 22 0.11
KL42-01 110.1 113.2 0.001 10 0.09 0.8 101 89 11 2 0.01 0.01 3.2 2.5 18 0.1
KL42-01 113.2 115.8 0.0068 68 0.16 0.6 91 65 21 5 0.01 0.01 2.6 2.0 21 0.1



Appendix V - 348 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-01 115.8 116.9 0.0039 39 0.07 0.01 99 98 18 3 0.01 0.01 3.8 3.5 20 0.01
KL42-01 116.9 119.5 0.0049 49 0.08 0.8 103 217 34 6 0.01 0.01 2.7 4.1 26 0.12
KL42-01 119.5 122.5 0.0047 47 0.08 1.3 129 291 61 8 3 0.01 4.4 5.7 34 0.01
KL42-01 122.5 124.8 0.0163 163 0.14 2.1 208 470 50 15 4 0.01 4 9.7 32 0.21
KL42-01 124.8 127.1 0.0176 176 0.06 2.4 1700 435 49 19 6 0.01 7.6 6.4 29 0.29
KL42-01 127.1 129.9 0.0236 236 0.04 2.4 2420 307 65 40 6 2 8.2 4.9 36 0.3
KL42-01 129.9 132.5 0.0526 526 0.13 5.3 3400 692 160 99 10 3 7.4 9.1 31 0.35
KL42-01 132.5 134.5 0.0199 199 0.05 1.7 920 275 67 60 5 0.01 4.4 2.8 37 0.13
KL42-01 134.5 136.3 0.0054 54 0.1 0.7 365 224 160 146 2 4 9.5 4.1 78 0.16
KL42-01 136.3 139.3 0.0064 64 0.12 0.9 900 351 180 730 6 4 12.4 5.6 57 0.23
KL42-01 139.3 142.5 0.129 1290 0.46 12.5 6100 1930 120 620 73 5 31 28.5 33 0.17
KL42-01 142.5 145.6 0.0293 293 0.22 9.6 2540 7100 230 430 28 0.01 15.1 18.8 30 0.11
KL42-01 145.6 148.7 0.0306 306 0.09 9.3 2660 1030 100 95 25 2 11.1 27.2 34 0.01
KL42-01 148.7 150.7 0.0105 105 1.04 5.3 4920 267 680 920 103 3 52 31.5 54 0.54
KL42-01 150.7 154.8 0.0064 64 0.49 1.5 1700 201 380 740 26 3 62 9.5 128 0.21
KL42-01 154.8 156.8 0.0044 44 1.04 4.7 2010 331 580 23 71 2 19 33.0 44 0.1
KL42-01 156.8 159.4 0.0205 205 0.6 25.2 4780 1670 480 114 209 9 29 124.0 96 0.01
KL42-01 159.4 161.5 0.101 1010 0.23 6.4 8000 540 130 24 31 10 5.5 47.0 58 0.01
KL42-01 161.5 164.1 0.096 960 0.32 6.8 10300 580 74 132 30 19 17.2 20.8 54 0.1
KL42-01 164.1 167.5 0.1 1000 0.2 3.2 421 88 60 396 5 4 1.8 4.5 32 0.1
KL42-01 167.5 170.5 0.047 470 0.14 4 9300 335 130 117 10 16 2.8 12.0 50 0.1
KL42-01 170.5 172.7 0.36 3600 1.33 53 49900 5200 1310 157 253 61 18 390.0 54 0.01
KL42-01 172.7 173.9 0.52 5200 0.43 40 77000 3600 400 170 81 80 14.5 80.0 38 0.76
KL42-01 173.9 176.3 0.66 6600 0.58 17.1 19600 640 290 750 48 50 10.9 68.0 67 0.34
KL42-01 176.3 179.4 0.62 6200 0.77 23 23400 2700 300 274 50 50 12 38.0 86 1.02
KL42-01 179.4 182.1 0.6 6000 2.27 26.2 16700 2900 620 996 75 38 24 34.5 63 1.56
KL42-01 182.1 184.6 0.57 5700 1.24 15.7 29100 760 470 457 20 30 15.3 35.0 30 0.49
KL42-01 184.6 187.6 0.128 1280 0.14 3.5 2910 365 58 216 9 5 3.7 13.0 40 0.1
KL42-01 187.6 190.9 0.155 1550 0.21 5 6000 1080 67 420 16 7 4.1 13.8 27 0.01
KL42-01 190.9 194 0.0558 558 0.16 4.2 4100 1950 83 345 18 2 4.4 11.5 20 0.18
KL42-01 194 197.1 0.131 1310 0.41 11.9 18600 6200 250 762 111 5 8.4 92.0 28 0.19
KL42-01 197.1 200.2 0.157 1570 0.94 18 7500 5400 200 876 90 6 10.5 48.0 23 0.1
KL42-01 200.2 203.3 0.14 1400 1.06 15 4480 9500 190 710 54 4 11.3 35.0 26 0.11
KL42-01 203.3 206.4 0.0377 377 0.31 25.3 17600 23500 170 369 62 0.01 14.5 55.0 22 0.1
KL42-01 206.4 209.3 0.0374 374 0.43 17.3 5700 15100 340 451 46 0.01 20 50.0 24 0.17
KL42-01 209.3 212.3 0.0319 319 0.2 18.9 15100 17200 100 261 47 2 11.2 36.0 20 0.11
KL42-01 212.3 214.7 0.0323 323 0.26 24.9 15000 14400 150 203 44 0.01 17.4 26.0 21 0.27
KL42-01 214.7 216 0.0403 403 0.38 47 24700 27500 180 261 82 0.01 26 57.0 21 0.68
KL42-01 216 219 0.047 470 0.33 26.7 16100 16600 160 269 18 3 31 23.9 23 0.62
KL42-01 219 221.5 0.0339 339 0.28 8 6400 4000 120 177 18 2 9.6 15.8 22 0.35
KL42-01 221.5 224.5 0.0312 312 1.14 13.1 5000 3300 65 213 22 2 8.1 12.5 22 0.27
KL42-01 224.5 227.5 0.075 750 0.39 35 7000 5100 220 272 55 3 17.4 28.8 28 0.31
KL42-01 227.5 229.9 0.058 580 0.2 3.7 2200 475 100 174 32 2 5.8 11.8 23 0.01
KL42-01 229.9 232.9 0.0108 108 0.05 2 410 309 34 80 5 0.01 1.7 4.5 23 0.01
KL42-01 232.9 234.8 0.0185 185 0.12 1.6 880 221 56 163 18 0.01 3.5 9.5 20 0.01
KL42-01 234.8 238 0.0194 194 0.24 2.7 1850 640 140 188 20 0.01 6.4 17.2 24 0.01
KL42-01 238 240.7 0.0325 325 0.44 4.5 3500 2120 180 210 20 0.01 15.8 23.8 25 0.2
KL42-01 240.7 241.9 0.0252 252 0.19 2.8 2800 880 65 152 17 0.01 4.5 15.8 22 0.01
KL42-01 241.9 245.2 0.0267 267 0.46 7.1 3930 2400 57 163 25 0.01 5 21.8 22 0.01
KL42-01 245.2 248.5 0.0269 269 0.36 3.9 3210 1100 250 128 24 0.01 9.2 22.5 24 0.01
KL42-01 248.5 251 0.082 820 0.85 23.3 9400 4300 340 972 56 4 17.1 55.0 35 0.19
KL42-01 251 252.4 0.0237 237 0.11 3 1070 420 52 104 11 2 2.7 11.5 22 0.01
KL42-01 252.4 255.4 0.0297 297 0.08 3.3 1310 920 36 84 8 2 2.6 14.5 27 0.01
KL42-01 255.4 258 0.053 530 0.05 6.3 5300 9400 130 59 6 0.01 4.3 11.0 24 0.01
KL42-01 258 260.1 0.0092 92 0.04 0.9 480 378 20 31 2 0.01 1.2 2.9 21 0.01
KL42-01 260.1 262.4 0.0119 119 0.03 0.01 386 49 9 37 4 0.01 0.7 2.3 24 0.01
KL42-01 262.4 265.1 0.209 2090 0.17 12.6 10700 2100 66 166 30 19 4.9 27.8 44 0.01
KL42-01 265.1 267.5 0.0123 123 0.03 0.8 440 175 17 16 0.01 0.01 0.9 2.3 22 0.01
KL42-01 267.5 270.5 0.009 90 0.07 0.7 132 127 12 42 3 0.01 0.6 4.0 25 0.01
KL42-01 270.5 273.1 0.02 200 0.06 1.2 660 394 16 42 1 0.01 1.2 5.0 24 0.01
KL42-01 273.1 276 0.075 750 0.15 5.9 3530 480 100 150 18 6 3.6 15.5 35 0.01
KL42-01 276 279.9 0.144 1440 0.21 10.3 6400 1210 180 153 38 12 9.9 18.2 44 0.21
KL42-01 279.9 281.3 0.0119 119 0.13 2.2 980 2430 25 283 1 0.01 3.3 6.2 29 0.01



Appendix V - 349 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-01 281.3 284.9 0.161 1610 0.17 10.3 9800 860 110 83 33 16 6.4 22.7 49 0.01
KL42-01 284.9 286.9 0.0113 113 0.06 0.01 241 261 14 152 2 0.01 1.1 6.2 15 0.01
KL42-01 286.9 290 0.0081 81 0.08 3.8 650 740 22 100 27 0.01 1.2 34.2 16 0.01
KL42-01 290 292.6 0.083 830 0.1 1.5 1090 75 79 291 6 0.01 2.9 5.0 18 0.11
KL42-01 292.6 294.9 0.0162 162 0.2 3.2 1630 960 41 83 10 0.01 3.6 14.8 28 0.11
KL42-01 294.9 297.2 0.0162 162 0.2 3.2 1630 960 41 83 10 0.01 3.6 14.8 28 0.11
KL42-01 297.2 302 0.102 1020 0.16 4.7 5800 1040 120 62 24 8 14.8 23.8 27 0.1
KL42-01 302 303.9 2.25 22500 4.56 28.9 4300 930 500 362 6 64 26 27.0 34 1.18
KL42-01 303.9 305.4 4.39 43900 2.12 39 28800 910 160 584 104 129 6.1 39.5 16 0.17
KL42-01 305.4 308.4 0.01 100 0.19 1.2 281 56 34 24 7 0.01 3.2 15.0 23 0.01
KL42-01 308.4 311.5 0.1 1000 0.2 5.3 6600 510 110 78 40 11 5.9 19.2 31 0.01
KL42-01 311.5 312.6 0.079 790 0.83 7.8 4320 750 120 24 28 17 9.4 30.0 32 0.01
KL42-01 312.6 314.5 0.0271 271 0.15 1.7 760 202 38 63 2 2 2.4 6.4 30 0.01
KL42-01 314.5 317.5 0.0089 89 0.14 0.01 170 117 24 75 0.01 0.01 1.4 3.5 16 0.01
KL42-01 317.5 320.6 0.11 1100 0.08 3.8 2460 880 100 33 25 4 3.8 26.0 28 0.01
KL42-01 320.6 322.3 0.0397 397 0.24 1.1 510 420 61 21 1 2 3.8 11.0 23 0.01
KL42-01 322.3 324.9 0.0025 25 0.02 0.01 236 216 20 5 0.01 0.01 1.3 3.5 18 0.01
KL42-01 324.9 328 0.0057 57 0.1 2.8 2070 2400 36 11 1 0.01 4.8 40.0 26 0.01
KL42-01 328 329.5 0.0228 228 0.17 8.7 1720 1350 63 13 26 3 4.7 21.2 35 0.01
KL42-01 329.5 332.5 0.0046 46 0.24 0.01 520 388 57 10 0.01 0.01 3.8 7.4 24 0.01
KL42-01 332.5 335.5 0.015 150 0.08 0.5 220 140 21 8 0.01 0.01 1.1 3.5 14 0.01
KL42-01 335.5 337.6 0.004 40 0.03 0.01 95 214 14 2 0.01 0.01 0.9 2.1 16 0.01
KL42-01 337.6 340.4 0.0059 59 0.02 0.01 159 99 15 0.01 0.01 0.01 0.4 1.8 13 0.01
KL42-01 340.4 343.5 0.0051 51 0.03 0.01 71 74 21 0.01 0.01 0.01 0.7 2.0 16 0.01
KL42-02 0 2.6 0.0018 18 0.01 1 102 108 3 2 0.01 0.01 1.9 1.0 24 0.01
KL42-02 2.6 5.6 0.0024 24 0.01 0.01 131 69 7 4 0.01 0.01 2.7 1.0 18 0.01
KL42-02 5.6 8.7 0.0036 36 0.01 0.01 139 74 14 0.01 0.01 0.01 2.6 1.8 20 0.01
KL42-02 8.7 11.6 0.005 50 0.01 0.7 211 98 9 5 0.01 0.01 2.1 2.0 21 0.01
KL42-02 11.6 14.2 0.0029 29 0.01 0.5 55 25 13 0.01 0.01 0.01 1.7 1.0 15 0.01
KL42-02 14.2 16.8 0.004 40 0.04 0.01 92 29 9 0.01 0.01 0.01 1.7 1.8 18 0.01
KL42-02 16.8 20.2 0.0029 29 0.07 0.01 93 27 9 0.01 0.01 0.01 1.6 1.0 32 0.01
KL42-02 20.2 23.6 0.0037 37 0.01 0.01 47 22 7 0.01 0.01 0.01 0.7 0.8 34 0.01
KL42-02 23.6 26.3 0.0023 23 0.01 0.01 26 22 9 0.01 0.01 0.01 0.7 1.2 29 0.01
KL42-02 26.3 29.4 0.0019 19 0.01 0.8 71 86 8 0.01 0.01 0.01 3.4 0.0 21 0.01
KL42-02 29.4 32.2 0.0017 17 0.08 2.8 1320 311 12 2 0.01 0.01 5.6 1.5 48 0.38
KL42-02 32.2 33.6 0.0062 62 0.1 1.1 158 127 13 2 0.01 0.01 2.9 1.2 29 0.11
KL42-02 33.6 35.6 0.0009 9 0.01 1.5 139 151 17 0.01 0.01 0.01 2.6 1.2 19 0.01
KL42-02 35.6 38.6 0.0025 25 0.01 1.4 97 172 10 2 0.01 0.01 1.1 1.2 14 0.01
KL42-02 38.6 41.6 0.005 50 0.01 2.5 198 336 16 7 0.01 2 1.5 1.5 18 0.01
KL42-02 41.6 44.6 0.0076 76 0.01 1.5 134 146 14 15 0.01 0.01 2.8 2.2 24 0.01
KL42-02 44.6 47.6 0.021 210 0.01 1.9 85 75 24 3 0.01 2 3.7 1.8 16 0.01
KL42-02 47.6 50.6 0.0082 82 0.01 0.01 75 42 10 10 0.01 2 0.7 1.2 21 0.01
KL42-02 50.6 53 0.0078 78 0.01 0.01 45 33 10 6 0.01 0.01 0.8 1.8 20 0.01
KL42-02 53 56.1 0.0035 35 0.01 0.7 131 70 8 3 0.01 0.01 2 1.5 18 0.01
KL42-02 56.1 57.9 0.0062 62 0.01 1.1 331 198 10 2 0.01 3 3.3 3.5 18 0.01
KL42-02 57.9 59.6 0.51 5100 0.86 10.7 4900 840 1980 1440 42 7 7.6 10.5 16 0.23
KL42-02 59.6 62.6 0.0044 44 0.12 0.01 60 17 24 10 0.01 3 1 1.9 18 0.01
KL42-02 62.6 65.6 0.0039 39 0.47 0.6 212 29 32 2 0.01 0.01 2.5 2.2 24 0.01
KL42-02 65.6 68 0.0019 19 0.07 0.01 73 38 11 3 0.01 3 1.8 3.0 14 0.01
KL42-02 68 70.1 0.3 3000 1.15 7 7900 360 860 115 43 8 6.9 10.8 30 0.3
KL42-02 70.1 71.6 0.0142 142 0.04 0.01 67 68 33 5 0.01 0.01 1.6 1.7 21 0.01
KL42-02 71.6 74.6 0.0165 165 0.16 1.4 500 520 120 0.01 0.01 0.01 28 8.8 23 0.16
KL42-02 74.6 77.6 0.0046 46 0.1 0.01 350 181 55 36 0.01 3 10.1 4.8 34 0.01
KL42-02 77.6 79.6 0.0096 96 0.07 0.6 425 127 46 48 0.01 0.01 6.2 3.5 24 0.01
KL42-02 79.6 81.6 0.009 90 0.1 0.5 228 115 57 10 1 4 7.5 5.5 18 0.01
KL42-02 81.6 83.6 0.073 730 0.19 31.7 7600 12000 210 58 62 6 140 259.0 62 0.49
KL42-02 83.6 86.2 0.0073 73 0.63 2.1 720 207 260 197 2 3 24 8.5 41 0.27
KL42-02 86.2 88.2 0.014 140 0.43 4.3 870 362 290 159 2 4 20 8.0 45 0.24
KL42-02 88.2 90.9 0.0238 238 0.54 2.1 550 217 290 350 3 4 18 8.5 61 0.36
KL42-02 90.9 93.8 0.045 450 0.23 3.5 1810 1070 200 894 3 3 46 13.5 65 0.24
KL42-02 93.8 96.6 0.46 4600 0.84 2 103 157 1370 2080 2 6 214 12.2 195 0.16
KL42-02 96.6 99.6 2.76 27600 1.31 1.5 680 420 450 2880 1 5 253 6.0 154 0.28
KL42-02 99.6 100.8 1.45 14500 1.37 0.9 202 138 180 2860 1 5 42 3.5 145 0.26



Appendix V - 350 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-02 100.8 103 0.39 3900 0.64 1.2 90 37 700 90 0.01 0.01 92 2.5 92 0.1
KL42-02 103 104.5 0.0061 61 0.01 0.01 40 8 2 2 0.01 20 0.01 0.0 35 0.01
KL42-02 104.5 107.5 0.41 4100 0.8 3.8 96 103 630 447 2 3 82 12.8 140 0.34
KL42-02 107.5 109.9 0.16 1600 1.64 20.1 164 7600 340 1780 8 4 37 44.5 167 0.66
KL42-02 109.9 112.1 0.0161 161 1.04 10.5 3900 17000 160 520 4 3 16.8 19.2 176 0.55
KL42-02 112.1 113.6 0.046 460 0.55 21.9 5200 3000 230 3365 74 8 41 90.0 38 0.28
KL42-02 113.6 116.6 0.092 920 0.64 16.9 14600 3700 300 3800 154 7 124 76.0 81 0.68
KL42-02 116.6 119.6 0.087 870 1.83 14.5 5800 1920 1010 9750 62 10 102 51.0 101 1.17
KL42-02 119.6 122.6 0.112 1120 0.99 9.8 16000 1370 400 1930 42 9 65 82.0 35 0.96
KL42-02 122.6 125.6 0.0127 127 0.46 2.8 1680 1470 150 345 4 3 22 12.0 61 0.26
KL42-02 125.6 128.8 0.0152 152 0.67 4.9 3100 1180 410 220 9 3 16.8 8.2 21 0.39
KL42-02 128.8 131.7 0.0391 391 0.97 9.6 5500 2900 180 145 28 5 16.9 15.8 26 0.38
KL42-02 131.7 134.6 0.0124 124 0.86 2.3 3400 1500 100 156 5 2 6.7 5.5 25 0.34
KL42-02 134.6 137.7 0.0212 212 0.24 4 2310 2070 99 238 9 0.01 8.9 9.5 29 0.28
KL42-02 137.7 140 0.0086 86 0.11 1.7 1090 590 39 291 5 3 3.2 5.0 25 0.01
KL42-02 140 143 0.0041 41 0.12 0.8 480 352 31 152 3 2 2.5 2.8 24 0.01
KL42-02 143 145.4 0.0093 93 0.24 2.2 440 334 39 86 23 0.01 3.8 5.2 27 0.01
KL42-02 145.4 147.3 0.0168 168 0.1 8 3140 3700 37 47 17 2 3.4 31.0 22 0.01
KL42-02 147.3 150 0.0046 46 0.06 0.5 249 156 28 234 2 2 2.2 3.5 24 0.01
KL42-02 150 153.5 0.0389 389 0.24 1.5 1860 231 110 266 4 5 35 5.5 32 0.14
KL42-02 153.5 155.7 0.07 700 0.47 7.1 3850 1230 230 830 21 0.01 25 13.2 33 0.51
KL42-02 155.7 158.4 0.0148 148 0.17 2.9 2180 560 81 94 6 0.01 3.2 7.0 27 0.1
KL42-02 158.4 161.4 0.0204 204 0.3 4.6 2280 630 98 98 10 0.01 4.9 6.5 24 0.01
KL42-02 161.4 164.2 0.086 860 0.28 7.8 4200 1840 58 84 20 3 2.7 11.0 23 0.01
KL42-02 164.2 167.3 0.0181 181 0.12 2.3 1940 364 35 66 7 0.01 1.2 6.8 18 0.1
KL42-02 167.3 169.9 0.05 500 0.14 4.6 4350 730 82 90 18 0.01 1.3 8.5 12 0.01
KL42-02 169.9 172 0.0258 258 0.12 1.6 1940 110 63 63 6 0.01 0.7 4.2 14 0.01
KL42-02 172 174.2 0.078 780 0.25 3.2 2850 284 260 256 20 0.01 2 9.5 15 0.01
KL42-02 174.2 175.6 0.066 660 0.23 4.3 8300 383 110 200 22 2 1.7 9.8 18 0.26
KL42-02 175.6 177.8 0.0056 56 0.09 0.01 180 40 23 19 0.01 0.01 2.6 3.0 31 0.01
KL42-02 177.8 179.6 0.48 4800 1.37 10.7 6200 560 2010 506 34 8 10.8 11.8 49 0.42
KL42-02 179.6 182 0.46 4600 2.13 18.4 8800 780 1380 2240 99 11 9.5 27.5 40 0.32
KL42-02 182 185.2 0.47 4700 2.35 14.4 12500 4900 1120 800 39 9 13.8 14.8 32 0.42
KL42-02 185.2 188.2 0.0065 65 0.1 0.01 186 50 42 20 0.01 0.01 1.5 2.0 29 0.01
KL42-02 188.2 191.3 0.14 1400 0.76 7.9 15300 550 400 34 43 3 4 8.5 38 0.12
KL42-02 191.3 194.4 1.26 12600 1.88 24.3 12000 650 1020 415 57 24 5.2 18.5 73 0.01
KL42-02 194.4 197.6 0.46 4600 1.85 9.8 16300 120 190 84 40 41 4.3 19.5 57 0.01
KL42-02 197.6 200.6 0.74 7400 1.92 16 17500 83 120 81 27 21 4.7 17.5 48 0.01
KL42-02 200.6 203.6 0.85 8500 1.37 12.1 7200 2800 120 155 21 24 5.5 28.0 55 0.01
KL42-02 203.6 206.3 0.77 7700 1.52 11.1 570 62 310 56 15 15 7.3 12.2 76 0.01
KL42-02 206.3 209 1.45 14500 2.38 17.6 640 172 410 36 112 25 8.2 18.5 59 0.01
KL42-02 209 212.1 1.49 14900 1.52 16.1 1540 1900 210 1250 8 20 4.9 28.0 76 0.01
KL42-02 212.1 213.5 0.76 7600 0.52 6.1 6900 5900 67 153 3 31 4.8 33.0 130 0.01
KL42-02 213.5 215 0.0144 144 0.01 0.01 13 7 3 7 0.01 2 0.01 0.0 112 0.01
KL42-02 215 217.6 0.38 3800 0.19 2.9 620 420 16 880 4 35 1 20.6 96 0.01
KL42-02 217.6 219.5 1.31 13100 0.34 17.5 6000 2100 160 659 7 82 14.5 48.0 69 0.13
KL42-02 219.5 221.6 0.91 9100 0.14 12.7 1670 1160 100 760 3 82 2.8 46.0 182 0.01
KL42-02 221.6 224.6 0.59 5900 0.31 5.5 570 2100 100 540 25 60 1.9 47.5 164 0.12
KL42-02 224.6 227.6 1.46 14600 0.32 13.6 950 2100 43 420 5 70 2.8 18.5 106 0.12
KL42-02 227.6 230.6 0.34 3400 0.15 7.1 400 2310 25 511 3 38 2.7 17.0 95 0.01
KL42-02 230.6 233.6 0.56 5600 0.18 5.6 284 630 26 304 5 44 2 12.5 42 0.01
KL42-02 233.6 236.6 0.86 8600 0.17 6.1 337 281 18 1100 4 46 1.4 11.2 50 0.01
KL42-02 236.6 239.6 0.84 8400 0.14 6.7 810 700 21 830 6 41 1.6 11.5 69 0.01
KL42-02 239.6 242.5 0.74 7400 0.15 5.6 680 640 45 288 3 39 2.4 7.8 87 0.01
KL42-02 242.5 245.1 0.76 7600 0.16 5.8 520 690 38 376 4 42 1.6 48.5 104 0.01
KL42-02 245.1 248.2 0.44 4400 0.18 6.8 870 900 140 178 10 40 9.3 16.0 114 0.12
KL42-02 248.2 251.2 0.35 3500 0.23 6.7 640 3000 50 540 6 29 5.2 11.8 79 0.01
KL42-02 251.2 254.2 0.156 1560 0.14 4.2 710 1470 38 152 3 20 2.8 11.5 70 0.01
KL42-02 254.2 257.2 0.39 3900 0.24 4.6 460 780 64 120 3 17 4 8.0 105 0.01
KL42-02 257.2 259.1 0.78 7800 0.49 4.1 500 220 61 156 1 30 1.8 8.5 113 0.01
KL42-02 259.1 260.6 0.56 5600 0.38 4.2 540 302 79 144 4 19 1.3 6.5 69 0.01
KL42-02 260.6 263.6 0.71 7100 0.45 5.2 1000 540 54 305 2 40 1.5 8.8 76 0.01
KL42-02 263.6 266.6 0.7 7000 0.4 3.1 371 129 42 198 1 29 1.3 8.2 70 0.01



Appendix V - 351 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-02 266.6 269.1 0.74 7400 0.42 4.5 430 800 49 471 2 17 1.4 9.2 49 0.01
KL42-02 269.1 272.1 1.14 11400 0.64 5.4 560 500 31 63 2 29 1.5 10.2 72 0.01
KL42-02 272.1 274.2 0.65 6500 0.36 4.7 900 590 46 193 3 13 4.3 10.5 75 0.01
KL42-02 274.2 276.3 0.92 9200 0.56 2.7 570 182 21 78 2 15 1.2 11.2 30 0.01
KL42-02 276.3 278.6 0.87 8700 0.58 3.4 650 326 64 51 4 29 2.3 9.8 49 0.01
KL42-02 278.6 281.6 0.41 4100 0.26 2.7 520 364 39 168 2 43 2 15.2 112 0.01
KL42-02 281.6 284.6 0.52 5200 0.21 2.7 270 1130 26 49 2 28 1.3 9.8 61 0.01
KL42-02 284.6 286.3 0.61 6100 0.39 3.6 276 122 31 49 6 24 0.8 13.6 32 0.01
KL42-02 286.3 288.8 0.95 9500 0.37 3.5 1070 374 70 255 2 27 1.2 12.5 53 0.01
KL42-02 288.8 290.6 1.39 13900 0.47 7.7 330 145 44 184 2 31 0.8 20.5 68 0.01
KL42-02 290.6 293.6 0.44 4400 0.21 2.4 255 87 33 165 2 20 0.8 13.5 58 0.01
KL42-02 293.6 296.6 1.1 11000 0.4 6.3 416 98 34 226 2 32 1.6 17.5 50 0.01
KL42-02 296.6 299.6 1.3 13000 0.64 4.5 840 307 79 125 2 47 2.6 16.5 55 0.01
KL42-02 299.6 302.6 2.93 29300 2.06 9.8 650 156 200 278 8 64 2.9 27.0 76 0.01
KL42-02 302.6 305.6 2.92 29200 1.28 10.5 750 234 250 151 8 41 2.7 28.0 92 0.01
KL42-02 305.6 308.6 1.17 11700 0.64 4 252 73 22 98 3 31 0.9 28.0 60 0.01
KL42-02 308.6 311.6 1.58 15800 1.52 7.5 650 299 58 75 2 20 0.9 11.5 61 0.01
KL42-02 311.6 313.5 1.04 10400 0.82 7.1 1410 2500 130 65 7 36 2.2 26.0 73 0.01
KL42-02 313.5 314.6 4.42 44200 3.44 10.8 1410 740 74 27 3 36 2.3 29.5 79 0.01
KL42-02 314.6 317.6 6.61 66100 4.29 7.3 1660 223 22 31 1 45 3 50.0 40 0.01
KL42-02 317.6 320.6 4.89 48900 3.33 7.4 910 125 52 33 1 59 3.6 44.0 46 0.01
KL42-02 320.6 323.6 4.25 42500 3.12 7.1 970 141 41 118 1 62 3.4 22.0 63 0.01
KL42-02 323.6 326.6 3.91 39100 2.48 4.5 480 77 6 19 0.01 45 1.3 20.0 46 0.01
KL42-02 326.6 329.6 3 30000 1.81 3.7 690 137 7 74 1 56 1.4 20.0 57 0.01
KL42-02 329.6 332.6 3.4 34000 2.4 4.7 940 600 6 109 1 57 1.5 23.0 43 0.01
KL42-02 332.6 335.6 2.61 26100 1.96 5.3 710 540 8 34 2 51 1.9 20.0 41 0.01
KL42-02 335.6 338.6 2.6 26000 1.76 4.9 640 72 9 33 1 57 1.1 20.0 54 0.01
KL42-02 338.6 341.6 3.41 34100 2.12 4.8 810 52 7 11 2 54 1 15.0 48 0.01
KL42-02 341.6 344.6 2.62 26200 1.71 4.9 810 75 7 17 3 43 1.1 19.0 45 0.01
KL42-02 344.6 347.6 3.05 30500 2.27 11.4 720 84 16 66 4 57 1.7 27.0 56 0.01
KL42-02 347.6 350.6 2.98 29800 1.86 6.9 460 61 14 28 3 57 1.2 28.0 46 0.01
KL42-02 350.6 353.6 3.36 33600 2.03 6.5 950 85 4 42 1 46 1.8 15.0 49 0.01
KL42-02 353.6 356.6 2.59 25900 1.66 4.7 840 136 5 28 3 46 1.1 13.0 41 0.01
KL42-02 356.6 359.6 2.64 26400 1.95 4.5 900 86 5 25 3 47 1.6 13.0 56 0.01
KL42-02 359.6 362.6 3.02 30200 2.03 8.9 820 200 24 43 9 57 1.6 26.0 48 0.01
KL42-02 362.6 365.6 7.06 70600 3.84 12.4 860 124 34 131 4 51 0.8 41.2 76 0.01
KL42-02 365.6 368.6 3.88 38800 2.83 7.1 1130 79 5 21 2 56 0.8 17.0 48 0.01
KL42-02 368.6 371.6 4.75 47500 4.16 6.4 1100 167 22 78 1 52 1 35.0 57 0.01
KL42-02 371.6 374.6 2.23 22300 1.92 4.1 1390 363 13 45 1 40 1.8 15.5 79 0.01
KL42-02 374.6 377.6 3.55 35500 2.27 4.8 1120 107 4 47 1 34 1.3 18.0 54 0.01
KL42-02 377.6 380 4.02 40200 2.51 6 1360 176 16 169 1 48 1.5 28.5 69 0.01
KL42-02 380 382 3.32 33200 2.32 10.4 770 157 30 229 6 41 1.1 31.0 84 0.01
KL42-02 382 385 14.4 144000 6.16 14.7 359 176 84 98 4 20 6.2 27.5 76 0.2
KL42-02 385 386.7 2.68 26800 2.27 8.5 1530 420 24 60 8 44 2 28.0 104 0.01
KL42-02 386.7 388.3 3.01 30100 2 7.9 1070 208 27 37 6 37 2 27.5 84 0.01
KL42-02 388.3 389.5 7.1 71000 3.12 19.8 5200 490 32 167 2 47 1.9 27.5 83 0.01
KL42-02 389.5 392.2 2.91 29100 1.87 13.2 810 189 23 18 25 44 2.1 18.0 76 0.01
KL42-02 392.2 395.2 4.78 47800 2.5 17.1 3000 334 44 99 4 50 1.7 27.5 63 0.01
KL42-02 395.2 398.3 1.49 14900 1.78 9.6 770 369 33 68 13 32 0.7 23.5 98 0.01
KL42-02 398.3 401.4 1 10000 1.68 7.6 3300 2100 49 96 24 14 0.7 17.0 145 0.01
KL42-02 401.4 404.5 1.61 16100 2.03 11.2 2600 1140 40 99 24 35 0.7 25.0 95 0.01
KL42-02 404.5 407.5 0.89 8900 1.68 5.3 760 225 25 12 14 54 1.2 19.0 83 0.01
KL42-02 407.5 410.5 1.84 18400 2.05 12.1 1840 414 26 78 19 38 0.9 39.0 74 0.01
KL42-02 410.5 413.5 1.41 14100 1.71 13.7 1530 192 21 27 36 81 1 33.2 56 0.01
KL42-02 413.5 416.5 1.89 18900 2.56 18.2 1100 168 8 129 32 80 1.5 15.0 68 0.01
KL42-02 416.5 419.5 2.29 22900 2.24 27.3 2300 610 11 26 28 42 1.2 20.0 98 0.01
KL42-02 419.5 422.5 2.34 23400 1.9 44 780 167 15 52 7 47 1.6 18.0 68 0.01
KL42-02 422.5 425.5 4.14 41400 4.38 46 610 129 10 29 5 50 1.6 30.0 51 0.01
KL42-02 425.5 428.5 3.33 33300 2.02 6.2 430 106 44 104 7 41 1.3 27.0 88 0.01
KL42-02 428.5 431.5 1.62 16200 0.68 3.7 278 95 140 425 8 31 0.7 23.0 98 0.01
KL42-02 431.5 434.5 1.69 16900 0.91 3.9 1200 157 43 291 6 34 1 26.8 101 0.01
KL42-02 434.5 437.5 1.85 18500 0.52 7.5 2400 2000 54 288 6 23 1.7 19.0 84 0.01
KL42-02 437.5 439.4 2.23 22300 0.37 4.1 580 102 49 585 5 15 0.6 18.0 106 0.01



Appendix V - 352 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-02 439.4 442.5 1.57 15700 0.27 3 640 128 31 1275 3 16 0.5 23.5 124 0.01
KL42-02 442.5 444.6 1.73 17300 0.35 3.3 670 207 44 695 4 17 0.7 18.0 65 0.01
KL42-02 444.6 446.5 1.03 10300 0.31 3.2 840 214 45 495 4 14 0.7 23.0 39 0.01
KL42-02 446.5 449.5 1.42 14200 0.57 15.8 850 570 33 227 21 12 0.8 15.0 73 0.01
KL42-02 449.5 452.5 1.65 16500 1.08 22.5 850 289 16 618 8 11 0.7 14.5 130 0.01
KL42-02 452.5 455.5 0.93 9300 0.57 8.5 610 274 27 424 11 8 1 10.8 48 0.01
KL42-02 455.5 456.9 0.59 5900 0.29 3 670 144 43 193 9 6 1 11.3 42 0.01
KL42-02 456.9 458.9 0.83 8300 0.16 5.1 183 58 19 376 11 12 0.8 8.5 43 0.01
KL42-02 458.9 461.5 1.8 18000 0.56 13.9 1350 1120 28 791 10 14 1.1 13.0 68 0.01
KL42-02 461.5 464.5 3.35 33500 1.2 30 2700 1910 21 121 8 50 2 31.0 80 0.01
KL42-02 464.5 467.5 4.52 45200 1.95 21.3 3100 1520 22 70 16 87 2.2 20.0 73 0.01
KL42-02 467.5 470.5 5.23 52300 3.89 11.2 2200 900 16 34 1 112 0.7 14.0 86 0.01
KL42-02 470.5 473.5 2.87 28700 4.11 8.1 1540 1280 17 105 5 58 1 20.0 101 0.01
KL42-02 473.5 475.9 1.93 19300 2.88 8 3200 1030 24 28 7 43 0.6 22.5 76 0.01
KL42-02 475.9 479 3.05 30500 3.32 15.7 2800 1560 25 97 8 49 2 29.0 84 0.01
KL42-02 479 482.1 2.09 20900 2.84 9.3 4400 1620 34 241 5 54 3.1 20.0 95 0.01
KL42-02 482.1 485.2 1.26 12600 2.08 5.2 620 239 35 50 2 18 1.7 12.5 73 0.01
KL42-02 485.2 488.3 1.67 16700 1.72 4.4 650 273 63 56 2 26 3.6 26.0 61 0.01
KL42-02 488.3 491.3 1.82 18200 1.74 2.9 6800 3300 50 66 4 39 3.6 17.0 57 0.01
KL42-02 491.3 494.3 1.54 15400 1.84 3.7 2700 620 33 39 3 40 0.8 17.5 50 0.01
KL42-02 494.3 496.6 1.56 15600 1.32 4.8 680 71 25 16 3 48 0.2 28.0 41 0.01
KL42-02 496.6 498.8 2.04 20400 2.8 9.7 3200 1830 26 13 7 48 1.6 33.0 51 0.01
KL42-02 498.8 500.5 0.105 1050 0.2 0.5 450 319 19 3 2 2 0.4 4.0 23 0.01
KL42-02 500.5 502.8 0.055 550 0.7 1.7 3010 3270 4 0.01 0.01 3 0.8 1.9 24 0.01
KL42-02 502.8 504.6 2.79 27900 2.02 9.5 2300 670 72 10 1 168 9 18.0 23 0.01
KL42-02 504.6 506.5 0.098 980 0.19 1.7 1550 3200 24 6 1 3 1.8 2.3 21 0.01
KL42-02 506.5 509.1 0.118 1180 0.14 1.3 1250 1490 35 4 1 2 2.2 3.0 23 0.01
KL42-02 509.1 512 0.0279 279 0.09 0.01 970 287 39 2 0.01 0.01 1.8 2.1 24 0.01
KL42-02 512 514.5 0.04 400 0.08 3.1 2230 3640 15 2 0.01 0.01 4.9 2.2 22 0.01
KL42-02 514.5 516 0.0194 194 0.05 0.01 299 180 19 4 0.01 0.01 0.9 1.2 29 0.01
KL42-02 516 517.9 0.042 420 0.04 0.01 405 68 11 3 0.01 0.01 0.8 1.3 22 0.01
KL42-02 517.9 520.7 0.0141 141 0.04 0.6 730 510 18 6 0.01 0.01 1 1.1 26 0.01
KL42-02 520.7 523.2 0.0288 288 0.06 0.01 421 140 17 6 0.01 0.01 0.8 1.7 29 0.01
KL42-02 523.2 525 0.0091 91 0.02 0.01 173 68 14 3 0.01 0.01 0.2 0.9 22 0.01
KL42-02 525 527.9 0.0369 369 0.03 0.01 113 57 13 5 0.01 0.01 0.2 1.0 15 0.01
KL42-02 527.9 530.5 0.0064 64 0.01 0.01 79 26 9 4 0.01 0.01 0.2 0.5 12 0.01
KL42-02 530.5 533.5 0.0158 158 0.03 0.01 83 28 14 5 0.01 0.01 0.5 0.9 12 0.01
KL42-02 533.5 536.1 0.0195 195 0.03 0.01 224 107 13 3 0.01 0.01 0.7 1.1 14 0.01
KL42-02 536.1 539.4 0.0181 181 0.14 6.2 9600 11400 39 6 0.01 0.01 7.2 6.2 26 0.01
KL42-02 539.4 540.9 0.0064 64 0.05 0.01 368 147 11 2 0.01 0.01 0.2 0.7 16 0.01
KL42-02 540.9 543.9 0.068 680 0.08 0.01 116 28 2 4 0.01 4 0.01 1.1 16 0.01
KL42-02 543.9 545.5 0.399 3990 0.28 2 164 33 55 17 18 12 1.4 2.8 12 0.01
KL42-02 545.5 548.5 0.0108 108 0.01 0.01 15 8 1 0.01 0.01 5 0.01 0.0 104 0.01
KL42-02 548.5 551.5 0.0376 376 0.09 0.01 72 34 32 9 8 2 1.2 0.0 27 0.01
KL42-02 551.5 554.5 0.064 640 0.05 0.01 115 55 32 6 7 4 0.8 1.3 19 0.01
KL42-02 554.5 557.5 0.074 740 0.11 0.5 490 137 38 4 4 6 1 1.8 16 0.01
KL42-02 557.5 560.5 0.22 2200 0.29 1.2 272 41 37 4 6 7 0.6 1.5 20 0.01
KL42-02 560.5 563.5 0.64 6400 0.6 4.5 133 60 58 3 2 18 1.2 3.0 73 0.01
KL42-02 563.5 566.5 0.143 1430 0.08 0.8 156 26 3 6 0.01 5 0.01 2.0 16 0.01
KL42-02 566.5 569.5 0.019 190 0.01 0.01 54 14 3 4 0.01 0.01 0.01 0.5 13 0.01
KL42-02 569.5 571.2 0.0284 284 0.03 0.01 102 33 7 6 0.01 0.01 0.01 0.9 19 0.01
KL42-02 571.2 573.5 0.94 9400 0.64 3.9 195 84 38 398 1 20 0.3 6.0 32 0.01
KL42-02 573.5 575.5 1.43 14300 0.89 5.8 550 146 68 25 3 93 0.9 16.8 44 0.01
KL42-02 575.5 578.4 1.06 10600 0.77 5.3 1420 194 110 23 2 63 1.8 9.0 56 0.01
KL42-02 578.4 581.4 1.96 19600 0.83 8.3 2400 600 160 45 3 28 4.2 7.3 61 0.01
KL42-02 581.4 584.5 0.068 680 0.08 0.6 205 128 30 7 7 5 1.3 1.5 35 0.01
KL42-02 584.5 587.4 0.0208 208 0.03 0.01 103 40 17 12 5 4 2 3.8 29 0.01
KL42-02 587.4 590.1 0.048 480 0.04 0.01 234 64 34 13 6 3 0.7 0.0 34 0.01
KL42-02 590.1 593.1 0.0076 76 0.03 0.01 75 25 35 10 9 2 2 0.0 25 0.01
KL42-02 593.1 595.9 0.031 310 0.04 0.01 70 26 56 4 36 4 5 0.5 16 0.01
KL42-02 595.9 600.1 0.402 4020 0.52 2.1 249 226 31 65 7 8 2.5 3.0 51 0.01
KL42-02 600.1 602.8 0.0285 285 0.01 0.01 98 30 5 2 0.01 0.01 0.01 1.5 14 0.01
KL42-02 602.8 604.8 0.0043 43 0.01 0.01 228 48 4 0.01 0.01 0.01 0.01 0.8 12 0.01



Appendix V - 353 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-02 604.8 607.9 0.004 40 0.09 0.01 790 266 63 9 0.01 0.01 1.2 1.5 17 0.01
KL42-02 607.9 609.4 0.0079 79 0.02 0.01 209 291 9 0.01 0.01 0.01 0.4 1.0 14 0.01
KL42-02 609.4 611.9 0.0183 183 0.03 0.01 224 55 17 0.01 0.01 0.01 0.3 0.7 13 0.01
KL42-02 611.9 614.7 0.0024 24 0.01 0.01 440 107 5 0.01 0.01 0.01 0.01 0.8 10 0.01
KL42-02 614.7 617.2 0.0109 109 0.01 0.01 790 94 3 0.01 0.01 0.01 0.01 1.0 9 0.01
KL42-02 617.2 620.3 0.0061 61 0.01 0.01 860 99 4 0.01 0.01 0.01 0.01 0.8 10 0.01
KL42-02 620.3 623.3 0.062 620 0.31 0.01 319 65 9 155 2 2 0.01 1.3 10 0.01
KL42-02 623.3 625.3 0.008 80 0.01 0.01 67 23 3 9 0.01 0.01 0.01 0.0 9 0.01
KL42-02 625.3 628.3 0.0137 137 0.02 0.01 51 42 4 7 0.01 0.01 0.01 0.5 9 0.01
KL42-02 628.3 631.4 0.051 510 0.04 0.01 179 45 5 4 0.01 0.01 0.01 1.5 10 0.01
KL42-02 631.4 633.6 0.0089 89 0.02 0.01 205 83 3 4 0.01 0.01 0.01 1.3 8 0.01
KL42-02 633.6 635.5 0.0189 189 0.02 0.01 229 98 5 8 0.01 0.01 0.3 1.3 9 0.01
KL42-02 635.5 638.5 0.0114 114 0.03 0.01 263 103 2 4 0.01 0.01 0.3 0.8 8 0.01
KL42-02 638.5 641.5 0.0192 192 0.04 0.01 790 183 12 11 0.01 0.01 0.6 0.8 8 0.01
KL42-02 641.5 644.5 0.056 560 0.18 1.4 20900 3700 31 14 0.01 0.01 1.5 7.4 20 0.01
KL42-02 644.5 647.1 0.053 530 0.13 0.8 15800 2100 11 0.01 1 0.01 0.01 10.0 17 0.01
KL42-02 647.1 650.1 1.22 12200 1.16 8.5 7300 850 61 29 5 14 0.3 13.4 34 0.01
KL42-02 650.1 653.1 0.51 5100 0.49 5.6 28600 6600 67 5 1 4 2.4 13.9 32 0.01
KL42-02 653.1 655.5 0.044 440 0.26 0.01 20800 4800 22 0.01 2 0.01 0.7 5.9 15 0.01
KL42-02 655.5 656.9 0.044 440 0.26 0.01 20800 4800 22 0.01 2 0.01 0.7 5.9 15 0.01
KL42-02 656.9 659.8 0.0201 201 0.07 0.01 790 239 17 0.01 0.01 0.01 0.01 0.6 16 0.01
KL42-02 659.8 662.1 0.0217 217 0.31 0.01 399 92 8 10 128 0.01 0.3 2.5 14 0.01
KL42-02 662.1 665 0.075 750 0.11 0.7 480 183 14 0.01 1 0.01 0.5 1.8 25 0.01
KL42-02 665 668 0.3 3000 0.3 2 4900 2500 96 3 6 2 2 5.8 20 0.01
KL42-02 668 670.3 0.0097 97 0.02 0.01 2080 378 16 0.01 0.01 0.01 0.01 1.4 14 0.01
KL42-02 670.3 673.1 0.0069 69 0.01 0.01 250 48 11 0.01 0.01 0.01 0.01 0.0 14 0.01
KL42-02 673.1 674.5 0.006 60 0.01 0.01 245 32 7 2 0.01 0.01 0.01 0.0 14 0.01
KL42-02 674.5 677.5 0.067 670 0.03 0.01 193 17 8 0.01 1 0.01 0.01 2.5 17 0.01
KL42-02 677.5 680.3 0.148 1480 0.1 0.6 376 99 14 3 1 0.01 0.01 3.0 16 0.01
KL42-02 680.3 682.3 0.495 4950 0.7 3 1280 309 21 4 1 4 0.01 3.9 19 0.01
KL42-02 682.3 685.4 0.06 600 0.09 0.01 172 47 8 3 1 0.01 0.01 1.5 12 0.01
KL42-02 685.4 686.5 0.0399 399 0.03 0.01 138 14 9 0.01 1 0.01 0.01 1.5 18 0.01
KL42-02 686.5 689.5 0.12 1200 0.15 0.01 357 56 18 4 1 13 0.01 3.8 17 0.01
KL42-02 689.5 692.5 0.68 6800 0.71 3.8 340 15 23 16 1 15 0.01 12.5 32 0.01
KL42-02 692.5 695.5 0.63 6300 0.23 2.7 195 10 8 3 5 15 0.8 2.8 25 0.01
KL42-02 695.5 698.3 0.122 1220 0.09 0.01 190 14 6 12 0.01 2 0.01 1.5 16 0.01
KL42-02 698.3 701.5 0.0217 217 0.01 0.01 118 16 5 3 0.01 0.01 0.01 0.7 24 0.01
KL42-02 701.5 704.5 0.0185 185 0.01 0.01 106 9 4 2 0.01 0.01 0.01 2.0 22 0.01
KL42-02 704.5 706.9 0.101 1010 0.07 0.8 235 30 12 3 2 0.01 0.01 1.5 18 0.01
KL42-02 706.9 709.3 0.0241 241 0.03 0.01 93 9 4 0.01 0.01 0.01 0.01 0.0 18 0.01
KL42-02 709.3 711.3 0.0292 292 0.03 0.01 156 13 9 0.01 0.01 0.01 0.2 0.0 18 0.01
KL42-02 711.3 713.8 0.08 800 0.04 0.6 110 11 8 3 0.01 0.01 0.2 0.8 19 0.01
KL42-02 713.8 716.5 0.0149 149 0.01 0.01 104 12 13 2 0.01 0.01 0.01 0.0 18 0.01
KL42-02 716.5 719.5 0.096 960 0.09 0.8 294 40 9 3 2 0.01 0.2 1.5 20 0.01
KL42-02 719.5 722.5 0.0396 396 0.03 0.01 144 16 10 0.01 0.01 0.01 0.01 1.0 17 0.01
KL42-02 722.5 725.4 0.108 1080 0.14 0.01 118 11 12 2 0.01 0.01 0.4 0.8 18 0.01
KL42-02 725.4 728.5 0.465 4650 0.42 1.7 157 18 8 28 1 9 0.4 5.8 25 0.01
KL42-02 728.5 731.5 0.3 3000 0.23 1.1 124 13 6 143 1 14 0.4 8.8 32 0.01
KL42-02 731.5 734 0.58 5800 0.42 1.7 160 21 13 33 1 16 0.3 7.8 25 0.01
KL42-02 734 737.1 0.28 2800 0.23 2.7 530 93 270 18 3 8 1.2 3.3 22 0.32
KL42-02 737.1 740.2 0.41 4100 0.74 3.4 600 116 780 53 3 6 1.6 6.9 32 0.97
KL42-02 740.2 743.1 0.178 1780 0.11 1.3 460 213 30 30 2 4 0.5 2.5 20 0.01
KL42-02 743.1 744.2 0.69 6900 0.65 3.9 224 14 12 4 5 21 1.2 6.8 38 0.01
KL42-02 744.2 746.5 1.14 11400 0.72 5.3 180 80 150 213 12 16 41 10.5 34 0.01
KL42-02 746.5 749.5 0.92 9200 0.64 3.8 192 40 63 130 14 25 12.8 6.9 32 0.27
KL42-02 749.5 752.5 0.207 2070 0.21 0.9 134 11 10 38 1 31 0.8 1.8 40 0.01
KL42-02 752.5 755.5 0.493 4930 0.17 1.3 261 21 38 0.01 2 0.01 0.2 10.4 36 0.01
KL42-02 755.5 758.5 0.76 7600 0.69 4.5 114 14 6 4 7 28 0.6 4.0 27 0.01
KL42-02 758.5 761.4 0.74 7400 0.06 3.5 148 6 12 3 5 30 0.5 2.0 56 0.01
KL42-02 761.4 764.5 0.478 4780 0.31 1.6 128 24 13 38 1 36 0.7 4.8 36 0.01
KL42-02 764.5 767.5 0.354 3540 0.33 0.8 78 12 7 43 1 16 0.4 5.3 20 0.01
KL42-02 767.5 770.5 0.472 4720 0.34 1 90 13 8 30 1 16 0.3 8.0 21 0.01
KL42-02 770.5 772.8 1.34 13400 0.52 5.1 178 434 86 320 15 28 37 11.5 27 0.01



Appendix V - 354 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-02 772.8 774.9 1.36 13600 0.87 2.7 132 29 11 10 2 15 1 12.5 15 0.01
KL42-02 774.9 776.8 1.71 17100 0.11 22.2 900 1110 830 20 26 7 42 14.0 44 0.01
KL42-02 776.8 779 0.55 5500 0.06 1.6 154 46 4 15 0.01 8 0.01 3.5 26 0.01
KL42-02 779 781.3 0.409 4090 0.05 1.6 143 41 3 25 1 5 0.01 1.8 15 0.01
KL42-02 781.3 783.2 0.507 5070 0.05 2.8 392 720 85 640 1 6 1.6 5.8 27 0.01
KL42-02 783.2 785.5 0.24 2400 0.04 3.8 870 650 14 6 10 5 0.4 5.0 46 0.01
KL42-02 785.5 788.5 0.2 2000 0.03 1.2 550 276 24 173 2 8 0.8 4.5 40 0.01
KL42-02 788.5 790.6 0.21 2100 0.03 0.8 121 71 12 63 2 9 0.2 3.8 38 0.01
KL42-02 790.6 792 0.318 3180 0.03 1.5 83 31 11 173 2 7 0.5 7.3 50 0.01
KL42-02 792 793.6 0.23 2300 0.02 1.1 84 48 13 48 1 6 1.5 1.8 20 0.01
KL42-02 793.6 796.7 0.25 2500 0.05 1.2 63 28 4 68 0.01 5 0.01 3.0 17 0.01
KL42-02 796.7 799.8 0.344 3440 0.24 1.8 244 197 11 283 1 9 1.4 10.8 53 0.01
KL42-02 799.8 802.9 1.4 14000 0.49 1.7 218 107 17 23 0.01 15 0.01 18.8 61 0.01
KL42-02 802.9 806 0.395 3950 0.2 1 107 29 3 78 0.01 10 0.01 4.5 25 0.01
KL42-02 806 809.1 0.85 8500 0.32 1.4 86 16 18 46 1 12 0.01 8.8 45 0.01
KL42-02 809.1 811.4 0.72 7200 0.25 2.7 1700 326 45 103 3 15 0.01 8.5 41 0.01
KL42-02 811.4 813.4 0.69 6900 0.05 4.7 890 610 370 125 3 5 0.7 8.9 155 0.13
KL42-02 813.4 815.3 0.96 9600 0.43 3.1 1210 630 67 60 2 16 0.01 8.4 57 0.01
KL42-02 815.3 818.4 0.469 4690 0.2 1.6 920 950 38 148 1 14 0.9 12.5 28 0.01
KL42-02 818.4 821.5 0.44 4400 0.25 1.1 119 11 2 8 0.01 16 0.01 3.3 34 0.01
KL42-02 821.5 824.4 1.61 16100 0.87 2.4 243 14 1 12 0.01 27 0.01 10.3 40 0.01
KL42-02 824.4 827.4 1.94 19400 1.08 3.6 220 13 3 24 1 26 0.01 14.0 49 0.01
KL42-02 827.4 830.5 0.83 8300 0.48 1.8 305 19 34 14 1 28 0.01 10.2 49 0.01
KL42-03 0 3.8 0.0052 52 0.01 0.01 76 95 16 2 0.01 0.01 2.4 0.9 16 0.01
KL42-03 3.8 6.7 0.005 50 0.01 0.6 113 49 8 7 0.01 2 1.8 0.8 18 0.01
KL42-03 6.7 9.1 0.0017 17 0.02 0.9 1160 490 8 4 0.01 0.01 2 1.1 16 0.01
KL42-03 9.1 11.9 0.0016 16 0.01 0.5 114 57 5 3 0.01 0.01 1.6 0.0 23 0.01
KL42-03 11.9 14.6 0.0031 31 0.01 0.01 104 45 13 5 0.01 0.01 1.1 0.9 15 0.01
KL42-03 14.6 17.9 0.0011 11 0.09 0.01 152 40 15 5 0.01 2 2.6 1.6 22 0.14
KL42-03 17.9 20.3 0.0021 21 0.21 0.7 167 42 17 7 0.01 0.01 6.1 1.7 18 0.21
KL42-03 20.3 23.9 0.0069 69 0.07 0.01 211 43 13 9 0.01 0.01 5.5 0.7 30 0.13
KL42-03 23.9 26.9 0.0007 7 0.02 1.3 89 40 12 3 0.01 0.01 1.9 1.2 29 0.1
KL42-03 26.9 29.9 0.0008 8 0.01 0.7 45 15 4 4 0.01 0.01 0.7 0.6 32 0.13
KL42-03 29.9 32.5 0.0006 6 0.1 1.4 168 42 8 2 0.01 0.01 2.7 0.8 28 0.47
KL42-03 32.5 35.9 0.0023 23 0.02 0.5 76 35 8 2 0.01 4 1.3 0.5 46 0.1
KL42-03 35.9 38.8 0.0008 8 0.06 0.9 136 56 6 0.01 0.01 0.01 1.6 0.5 38 0.01
KL42-03 38.8 41.4 0.001 10 0.06 0.5 180 32 10 3 0.01 0.01 4.2 1.4 41 0.1
KL42-03 41.4 44.9 0.0006 6 0.02 0.01 54 28 10 3 0.01 2 1.9 0.7 36 0.01
KL42-03 44.9 47.9 0.0012 12 0.01 0.8 40 101 9 2 0.01 0.01 0.9 0.9 18 0.01
KL42-03 47.9 50.9 0.0015 15 0.01 0.7 44 56 7 3 0.01 0.01 1 1.6 21 0.01
KL42-03 50.9 53.9 0.0011 11 0.01 1.2 94 108 16 2 0.01 0.01 2.7 1.6 26 0.01
KL42-03 53.9 56.9 0.1975 1975 0.08 56 30400 19600 690 14 0.01 3 75 54.5 32 5.64
KL42-03 56.9 59.9 0.0018 18 0.01 1.2 215 143 11 3 0.01 0.01 1.8 1.5 16 0.01
KL42-03 59.9 62.4 0.001 10 0.01 0.01 53 47 8 3 0.01 4 0.4 0.6 22 0.01
KL42-03 62.4 65.5 0.0006 6 0.01 0.01 27 21 6 3 0.01 0.01 0.3 0.8 23 0.01
KL42-03 65.5 68.9 0.0037 37 0.01 0.7 540 275 12 8 0.01 0.01 3.4 2.1 21 0.15
KL42-03 68.9 71.4 0.0006 6 0.01 0.01 115 29 5 3 0.01 0.01 2.4 0.9 21 0.01
KL42-03 71.4 74.2 0.0007 7 0.02 0.01 45 33 7 2 0.01 0.01 0.4 1.5 22 0.01
KL42-03 74.2 77.2 0.0008 8 0.04 0.01 30 26 14 4 0.01 0.01 0.7 1.5 32 0.01
KL42-03 77.2 80.2 0.0011 11 0.04 0.01 68 90 7 2 0.01 0.01 1.1 1.6 27 0.01
KL42-03 80.2 83.9 0.0008 8 0.03 0.01 98 42 11 2 0.01 0.01 1.1 1.9 18 0.01
KL42-03 83.9 86.9 0.0041 41 0.05 1.4 950 850 49 5 0.01 0.01 3.4 9.8 31 0.1
KL42-03 86.9 89.9 0.0017 17 0.03 0.01 182 136 18 4 0.01 0.01 11.1 2.9 21 0.12
KL42-03 89.9 92.9 0.0012 12 0.03 0.7 103 49 18 2 0.01 0.01 10.2 1.8 22 0.01
KL42-03 92.9 95.9 0.0027 27 0.03 0.9 169 193 24 4 0.01 0.01 7.7 4.3 29 0.1
KL42-03 95.9 98.8 0.0046 46 0.06 1.6 580 1020 50 2 3 0.01 20.4 13.3 51 0.2
KL42-03 98.8 101.9 0.002 20 0.33 1 1010 300 170 7 1 0.01 14 3.2 51 0.29
KL42-03 101.9 104.9 0.0019 19 0.09 1.1 407 314 51 9 0.01 3 4.1 1.3 91 0.12
KL42-03 104.9 107.4 0.0361 361 0.23 1.9 440 239 170 19 2 6 36 3.7 52 0.15
KL42-03 107.4 110.3 4.29 42900 1.84 28 520 930 14600 108 57 12 1600 21.0 220 3.98
KL42-03 110.3 113.9 0.34 3400 0.73 100 6300 42400 1130 120 52 0.01 73 48.0 158 1.51
KL42-03 113.9 116.7 0.0162 162 0.99 36 7100 17700 180 268 6 3 20 19.5 133 0.5
KL42-03 116.7 122.8 0.013 130 0.67 97 8000 67400 100 95 2 0.01 38 26.0 126 0.85



Appendix V - 355 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-03 122.8 125.8 0.0066 66 0.81 13.6 2420 10100 49 50 2 2 18.8 4.5 168 0.3
KL42-03 125.8 128.6 0.0078 78 0.51 6.7 1550 5800 46 58 1 0.01 22.8 4.0 175 0.19
KL42-03 128.6 131.3 0.0051 51 0.21 3.6 2330 3050 77 46 0.01 0.01 8.8 3.2 118 0.51
KL42-03 131.3 134 0.0156 156 0.45 2.1 7300 2800 120 148 4 0.01 20 2.8 66 0.4
KL42-03 134 137.9 0.0048 48 0.28 0.9 4990 1410 68 640 1 3 8.8 2.5 57 0.15
KL42-03 137.9 140.3 0.252 2520 0.77 4.1 6600 4700 630 1360 4 2 720 12.5 79 0.87
KL42-03 140.3 143.2 0.093 930 2.88 12.3 7300 3000 450 740 34 10 130 32.0 115 0.86
KL42-03 143.2 146.3 0.086 860 0.47 6.4 3970 1150 480 2330 46 6 100 18.8 85 0.42
KL42-03 146.3 149.9 0.083 830 0.88 18.9 6420 3380 270 385 18 0.01 120 19.6 38 0.81
KL42-03 149.9 152.9 0.0328 328 0.26 5 2470 680 60 153 8 3 32 8.5 19 0.22
KL42-03 152.9 155.1 0.0151 151 0.15 2.3 1080 263 38 45 10 0.01 11 4.8 16 0.11
KL42-03 155.1 158.5 0.0158 158 0.11 2.3 990 228 46 71 12 2 9.3 9.0 20 0.01
KL42-03 158.5 161.8 0.0028 28 0.07 0.7 560 144 16 18 2 0.01 1.5 2.0 18 0.1
KL42-03 161.8 164.2 0.0054 54 0.1 1.2 1610 260 32 13 9 0.01 3.1 3.8 23 0.01
KL42-03 164.2 167.1 0.0083 83 0.08 1.2 420 182 27 39 6 0.01 2.9 2.2 20 0.01
KL42-03 167.1 170.4 0.0126 126 0.1 1.9 570 172 45 65 16 0.01 5.8 3.2 20 0.01
KL42-03 170.4 173.8 0.0094 94 0.08 0.9 660 110 31 73 7 0.01 3.3 2.0 18 0.01
KL42-03 173.8 177 0.0141 141 0.06 0.6 1210 78 42 79 12 0.01 3.6 4.2 16 0.01
KL42-03 177 180.3 0.0356 356 0.12 1.2 460 107 110 157 6 2 6.2 3.0 21 0.12
KL42-03 180.3 183.4 0.044 440 0.2 1.6 1240 160 220 216 14 2 8.9 6.0 22 0.11
KL42-03 183.4 188.1 0.098 980 0.22 3.8 4600 440 300 78 28 3 11.1 11.2 19 0.12
KL42-03 188.1 190.7 0.022 220 0.1 2.2 1020 184 28 26 7 0.01 2.6 3.2 16 0.01
KL42-03 190.7 193.9 0.093 930 0.21 3.3 3280 730 290 35 7 0.01 40 8.5 15 0.01
KL42-03 193.9 196.2 0.128 1280 0.28 3.2 3750 1570 360 46 50 3 38 22.5 15 0.12
KL42-03 196.2 198.8 0.59 5900 0.98 10.8 2610 560 220 396 102 4 6.9 13.8 24 0.01
KL42-03 198.8 201.7 0.0274 274 0.12 1.6 1030 217 40 90 22 0.01 4.1 3.0 14 0.01
KL42-03 201.7 204.4 1.34 13400 0.24 1.7 47 20 1 165 0.01 16 0.9 3.5 135 0.01
KL42-03 204.4 207.2 0.112 1120 0.16 2.3 1090 61 52 160 18 0.01 1.8 5.0 14 0.01
KL42-03 207.2 210.5 0.0257 257 0.17 4.4 1810 343 49 78 44 0.01 1.7 5.5 9 0.01
KL42-03 210.5 213.2 0.104 1040 0.4 3.4 9000 163 84 133 32 3 2.4 12.0 13 0.01
KL42-03 213.2 215.9 0.046 460 0.16 1.8 3320 520 120 44 16 2 2.6 7.5 11 0.01
KL42-03 215.9 218.9 0.103 1030 0.43 2.5 1980 298 150 321 28 10 2.8 11.6 16 0.01
KL42-03 218.9 221.8 0.38 3800 0.58 6.1 1980 241 500 530 16 15 10.2 10.5 24 0.12
KL42-03 221.8 224.9 0.33 3300 0.43 6.1 8700 208 270 500 18 14 4.7 10.0 28 0.01
KL42-03 224.9 226.9 0.12 1200 0.41 4.5 13400 290 140 128 8 13 4.6 8.8 15 0.01
KL42-03 226.9 230.9 0.154 1540 0.47 3 5200 288 120 504 7 14 2.5 6.8 21 0.01
KL42-03 230.9 233.9 0.62 6200 0.95 5.7 7300 110 160 252 5 54 6.5 12.0 21 0.01
KL42-03 233.9 236.9 0.62 6200 1.19 3.6 3950 110 67 122 1 32 2.5 13.8 26 0.01
KL42-03 236.9 239.9 1.23 12300 1.8 3.4 3120 39 37 79 1 45 3.1 15.5 29 0.01
KL42-03 239.9 242.9 0.88 8800 1.28 2 420 38 57 48 4 27 3.4 7.5 26 0.01
KL42-03 242.9 245.9 0.59 5900 0.67 1.8 1390 54 91 26 1 29 6.4 10.3 25 0.01
KL42-03 245.9 248.9 0.67 6700 0.63 2.3 388 128 96 71 1 30 4 11.9 51 0.01
KL42-03 248.9 251.9 1.12 11200 0.92 3.4 364 115 64 56 1 37 5.7 13.5 61 0.01
KL42-03 251.9 254.9 1.56 15600 0.99 4.5 321 73 110 197 0.01 11 5.1 13.0 51 0.01
KL42-03 254.9 257.9 1.4 14000 1 4.5 440 92 310 78 0.01 28 12.8 17.0 48 0.16
KL42-03 257.9 260.9 0.96 9600 0.64 4.7 530 192 660 10 0.01 25 20 9.7 88 0.33
KL42-03 260.9 263.9 0.501 5010 1 1.7 590 105 440 17 0.01 19 11 13.0 69 0.01
KL42-03 263.9 266.9 0.95 9500 1.25 3.1 324 56 56 21 1 30 6 20.0 59 0.01
KL42-03 266.9 269.9 0.65 6500 1.07 2.5 2180 45 38 18 1 29 5.6 16.3 24 0.01
KL42-03 269.9 272.9 1.23 12300 0.72 2.5 127 56 39 805 0.01 36 3.7 12.5 38 0.01
KL42-03 272.9 275.9 1.77 17700 1.72 4.1 124 25 49 208 0.01 28 4 28.0 41 0.01
KL42-03 275.9 278.9 0.431 4310 0.41 1.4 236 60 51 372 0.01 12 5.3 11.0 36 0.01
KL42-03 278.9 281.9 0.66 6600 0.42 1.2 5130 295 190 1020 0.01 11 6.6 14.0 65 0.94
KL42-03 281.9 284.9 0.399 3990 1.44 4.1 1810 1620 800 1280 0.01 12 28 7.3 149 6.7
KL42-03 284.9 287.9 0.161 1610 0.35 2.6 1210 1850 90 550 1 4 9.3 5.6 150 0.8
KL42-03 287.9 290.9 0.204 2040 0.5 4.5 5330 2680 330 55 0.01 7 14 12.3 146 1.56
KL42-03 290.9 293.3 0.131 1310 0.36 6.7 4200 12700 330 178 0.01 10 12.2 19.6 162 1.36
KL42-03 293.3 296.9 0.493 4930 1.5 3.9 990 560 1400 2010 1 8 44 12.3 139 2.76
KL42-03 296.9 302.9 0.179 1790 2.38 4.7 2010 3980 520 70 3 8 7.3 17.5 117 1.8
KL42-03 302.9 308 0.405 4050 0.34 0.7 2410 140 130 158 0.01 9 2.6 2.9 56 0.1
KL42-03 308 312.9 0.35 3500 0.26 0.7 2500 214 190 231 0.01 17 1.1 6.2 37 0.01
KL42-03 312.9 318 0.34 3400 0.27 1.5 480 140 330 900 0.01 12 1.1 5.9 121 0.01
KL42-03 318 320.9 0.8 8000 0.39 1.3 186 25 20 187 0.01 32 0.6 6.3 41 0.01



Appendix V - 356 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-03 320.9 326.3 0.26 2600 0.21 0.7 287 175 23 440 0.01 7 1.9 3.5 71 0.01
KL42-03 326.3 329.9 0.56 5600 0.38 1 1670 220 41 87 1 14 1.1 5.8 50 0.01
KL42-03 329.9 332.9 0.94 9400 0.58 1.8 261 106 180 216 2 44 5.6 7.3 51 0.16
KL42-03 332.9 335.1 0.73 7300 0.47 1.6 85 37 24 80 0.01 11 1.1 3.8 39 0.01
KL42-03 335.1 337.9 0.56 5600 0.26 1.5 228 78 37 610 0.01 13 1.7 4.5 42 0.01
KL42-03 337.9 340.4 0.63 6300 0.7 2.9 5640 1140 340 22 5 8 6.8 23.8 86 0.14
KL42-03 340.4 343 1.32 13200 1.22 4.4 3400 1100 1580 6 6 13 5.3 16.5 78 0.22
KL42-03 343 345.6 0.88 8800 0.26 2.8 1630 361 140 138 2 8 2.3 11.3 54 0.01
KL42-03 345.6 347.9 1.18 11800 0.61 2 171 42 130 461 3 20 2.6 20.0 65 0.01
KL42-03 347.9 351.3 0.99 9900 0.3 4.8 560 327 160 79 5 16 2.3 13.5 104 0.01
KL42-03 351.3 353.5 0.296 2960 0.1 1.4 131 36 33 121 2 5 2.7 3.0 24 0.01
KL42-03 353.5 356.5 0.96 9600 0.31 3.1 1060 148 36 605 2 12 2.3 6.5 92 0.01
KL42-03 356.5 359.2 1.67 16700 0.78 3 114 20 36 431 1 16 2 8.0 68 0.01
KL42-03 359.2 362.3 1.68 16800 1.19 3.4 287 34 39 36 2 19 2.5 14.8 40 0.01
KL42-03 362.3 365.4 1.74 17400 0.49 3.1 172 142 67 231 1 11 3.3 4.5 24 0.01
KL42-03 365.4 368.9 1.07 10700 0.77 2 530 350 60 16 0.01 14 2.2 10.3 39 0.01
KL42-03 368.9 371.9 1.54 15400 1.12 2.3 590 71 10 6 0.01 15 1 12.5 27 0.01
KL42-03 371.9 374.9 3.34 33400 1.56 3.9 610 212 40 93 0.01 40 1.8 11.0 26 0.01
KL42-03 374.9 377.9 0.56 5600 1.7 12.2 20500 7200 2600 381 0.01 9 100 13.5 45 0.36
KL42-03 377.9 380.9 0.87 8700 0.98 7.6 2050 610 240 19 8 15 7.3 8.8 36 0.01
KL42-03 380.9 383.9 0.54 5400 0.94 8.2 1810 332 170 7 22 46 3.4 11.5 30 0.01
KL42-03 383.9 386.9 3.08 30800 2.16 11.5 3000 154 29 9 2 49 2.7 17.0 37 0.01
KL42-03 386.9 389.9 4.14 41400 2.54 7 1600 70 3 311 1 48 0.7 17.0 34 0.01
KL42-03 389.9 392.9 2.87 28700 1.24 6.2 1520 81 2 10 1 28 0.6 13.0 17 0.01
KL42-03 392.9 395.9 4.58 45800 3 14.7 1550 540 25 5 5 43 3.9 15.0 36 0.01
KL42-03 395.9 398.9 7.18 71800 5.26 19.3 810 1000 10 0.01 6 54 1.8 18.8 30 0.01
KL42-03 398.9 401.9 2.67 26700 2.1 4.3 770 520 11 2 1 16 1.8 0.0 18 0.01
KL42-03 401.9 404.9 1.94 19400 1.6 3 710 261 24 13 0.01 28 2 5.0 28 0.01
KL42-03 404.9 407.9 0.99 9900 1.21 2.6 960 700 61 28 4 20 4.6 6.8 31 0.01
KL42-03 407.9 410.9 3.98 39800 2.78 6.7 1770 190 18 13 0.01 39 2.4 23.8 26 0.01
KL42-03 410.9 413.9 1.83 18300 1.86 18.2 1960 182 76 36 7 27 4.2 13.5 74 0.01
KL42-03 413.9 416.9 1.66 16600 4.53 7.1 1230 291 53 16 6 28 4 14.5 62 0.01
KL42-03 416.9 419.9 2.17 21700 3.22 7.8 1450 196 20 21 4 17 12 14.0 50 0.01
KL42-03 419.9 422.9 1.89 18900 3.86 4.2 1230 134 13 10 4 17 2.6 13.5 40 0.01
KL42-03 422.9 425.9 2.77 27700 8.15 8.4 2020 500 21 8 8 18 6.2 19.5 44 0.01
KL42-03 425.9 428.9 1.85 18500 2.83 10.2 5900 64 61 3 27 40 2.4 14.0 76 0.01
KL42-03 428.9 431.4 2.99 29900 1.51 22.5 147 135 290 6 51 75 44 18.0 91 0.8
KL42-03 431.4 434.3 2.25 22500 0.61 22 2900 1790 1530 121 3 34 1210 13.0 96 2.81
KL42-03 434.3 436.4 1.79 17900 0.49 91 1750 900 1220 226 65 18 2620 15.7 98 4.17
KL42-03 436.4 437.5 2.91 29100 0.9 82 1840 1310 2100 134 35 54 1035 27.0 106 2.9
KL42-03 437.5 440.9 1.17 11700 0.5 90 1280 1260 950 580 62 20 1980 13.0 96 3.67
KL42-03 440.9 443.9 1.13 11300 0.4 6.4 123 193 150 133 50 21 82 13.0 105 0.13
KL42-03 443.9 447 1.17 11700 0.46 31.3 950 840 500 103 8 21 1730 16.0 107 1.52
KL42-03 447 449.9 1.12 11200 0.33 8.3 1000 420 870 270 6 16 480 16.0 141 2.5
KL42-03 449.9 451.8 0.69 6900 0.23 2.3 610 279 58 96 46 10 24 9.0 96 0.01
KL42-03 451.8 454.9 1.28 12800 0.21 2.1 326 173 44 150 6 19 5.2 12.0 93 0.01
KL42-03 454.9 458 1.02 10200 0.17 2.8 200 292 79 99 6 17 4.1 11.0 147 0.01
KL42-03 458 461.3 0.85 8500 0.25 7.7 307 339 210 187 6 15 18 13.0 175 0.01
KL42-03 461.3 464.9 1.19 11900 0.77 71 900 265 230 183 50 14 655 12.5 72 0.38
KL42-03 464.9 467.9 0.86 8600 0.81 4.7 120 154 42 48 38 14 12.3 13.5 85 0.01
KL42-03 467.9 470.9 1.2 12000 0.28 2.7 56 137 46 540 3 13 6.6 13.2 130 0.01
KL42-03 470.9 473.9 0.96 9600 0.49 2.2 52 193 30 14 5 14 4.6 7.5 95 0.01
KL42-03 473.9 476.9 1.42 14200 0.17 6.3 37 108 62 95 2 18 30 17.0 123 0.01
KL42-03 476.9 479.2 1.04 10400 0.26 2 60 250 70 6 2 18 50 17.0 70 0.01
KL42-03 479.2 481.9 1.45 14500 0.16 5.8 367 880 470 26 2 12 210 16.0 87 0.17
KL42-03 481.9 484.9 1.01 10100 0.13 10.2 154 710 170 153 4 9 220 12.5 58 0.15
KL42-03 484.9 488 0.62 6200 0.09 8.6 99 321 100 50 3 7 70 9.5 46 0.23
KL42-03 488 491.1 1.24 12400 0.17 3.7 128 296 39 22 2 12 26 11.5 72 0.16
KL42-03 491.1 494.2 0.458 4580 0.22 1.9 107 135 23 42 6 6 12 8.5 59 0.01
KL42-03 494.2 497 0.83 8300 0.18 2.6 52 141 33 34 3 8 24 10.0 67 0.01
KL42-03 497 500.1 0.68 6800 0.25 5.2 67 119 40 16 3 10 10.6 9.8 60 0.01
KL42-03 500.1 503.2 0.412 4120 0.26 1.7 78 205 25 22 6 11 3.8 7.0 61 0.01
KL42-03 503.2 506.3 0.7 7000 0.3 1.2 137 510 30 174 3 12 6 8.2 75 0.01



Appendix V - 357 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-03 506.3 509.3 0.33 3300 0.2 1 75 58 5 39 0.01 7 1.2 4.0 70 0.01
KL42-03 509.3 512.9 0.458 4580 0.2 1.6 74 32 3 94 2 8 1.3 5.3 68 0.01
KL42-03 512.9 515.3 0.175 1750 0.09 0.8 36 22 3 39 0.01 6 2.4 2.5 69 0.01
KL42-03 515.3 518.3 0.161 1610 0.11 0.8 33 16 10 34 0.01 10 2.3 7.5 65 0.01
KL42-03 518.3 521.5 0.382 3820 0.28 1.2 184 70 3 18 0.01 7 0.6 3.0 66 0.01
KL42-03 521.5 524.6 0.68 6800 0.29 2 251 180 11 31 0.01 13 2.9 9.3 67 0.01
KL42-03 524.6 527.7 0.31 3100 0.14 1.4 94 61 6 13 0.01 9 0.4 4.5 46 0.01
KL42-03 527.7 530.7 1.47 14700 0.69 4.5 103 19 4 32 0.01 18 0.3 10.8 71 0.01
KL42-03 530.7 533.5 0.76 7600 0.1 1.6 87 62 26 70 2 10 5.6 6.2 145 0.01
KL42-03 533.5 536.4 0.371 3710 0.04 0.01 125 89 24 124 0.01 13 3.5 12.0 158 0.01
KL42-03 536.4 539.5 0.3 3000 0.03 0.8 211 176 18 195 1 10 6.1 7.5 42 0.01
KL42-03 539.5 542.6 0.28 2800 0.02 0.8 113 740 6 117 0.01 6 2.9 5.3 193 0.01
KL42-03 542.6 545.7 0.25 2500 0.02 1.6 70 142 9 121 0.01 9 7 10.2 181 0.01
KL42-03 545.7 548.8 0.31 3100 0.05 2.4 375 440 35 168 0.01 8 7.3 7.5 215 0.01
KL42-03 548.8 551.9 0.26 2600 0.04 1.2 85 167 46 437 2 24 18 16.9 247 0.01
KL42-03 551.9 554.9 0.86 8600 0.29 2.5 172 126 110 327 3 22 18.9 16.0 143 0.01
KL42-03 554.9 557.9 1.04 10400 0.39 2.9 145 75 29 107 0.01 14 10.6 8.0 166 0.01
KL42-03 557.9 560.9 0.71 7100 0.11 4.2 58 86 20 106 0.01 10 26 6.8 187 0.01
KL42-03 560.9 563.9 0.6 6000 0.12 3.3 113 137 21 58 0.01 13 12.8 7.2 169 0.01
KL42-03 563.9 566.9 0.41 4100 0.05 2.5 255 200 32 121 0.01 14 5.2 6.3 222 0.01
KL42-03 566.9 569.9 0.358 3580 0.02 1.4 236 180 47 86 0.01 14 7 7.2 219 0.01
KL42-03 569.9 572.9 0.22 2200 0.01 1.1 178 119 11 43 0.01 6 2.5 3.0 174 0.01
KL42-03 572.9 575.9 0.31 3100 0.02 2.4 204 110 260 37 2 4 36 2.3 199 0.01
KL42-03 575.9 578.9 0.62 6200 0.07 3.5 224 100 350 243 3 19 28 9.1 193 0.01
KL42-03 578.9 581.9 0.501 5010 0.11 1.4 158 102 65 36 0.01 6 9.8 3.0 175 0.01
KL42-03 581.9 584.9 0.66 6600 0.18 3.4 159 59 150 40 1 13 46 3.8 163 0.01
KL42-03 584.9 587.9 0.52 5200 0.16 1.2 62 42 30 39 1 11 6.5 3.9 96 0.01
KL42-03 587.9 590.9 0.451 4510 0.04 3.5 105 140 100 198 1 8 68 4.4 113 0.1
KL42-03 590.9 593.9 0.54 5400 0.07 2.4 132 132 110 102 3 7 54 5.0 141 0.01
KL42-03 593.9 596.9 0.327 3270 0.08 7 132 306 80 136 2 7 79 5.5 171 0.18
KL42-03 596.9 599.9 0.3 3000 0.02 3.2 48 161 65 117 1 8 37 4.5 218 0.01
KL42-03 599.9 602.9 0.467 4670 0.04 2.1 81 126 62 89 1 6 10.8 3.8 159 0.01
KL42-03 602.9 605.9 0.406 4060 0.08 2.3 31 90 23 156 1 7 8 3.5 148 0.01
KL42-03 605.9 608.9 0.55 5500 0.08 3.2 95 235 59 190 0.01 7 32 4.5 252 0.01
KL42-03 608.9 611.9 0.56 5600 0.06 3.5 96 168 53 35 1 9 33 4.0 185 0.01
KL42-03 611.9 614.9 0.438 4380 6.02 3.6 139 292 41 15 2 7 58 4.5 129 0.01
KL42-03 614.9 617.9 1.21 12100 0.37 2.7 61 87 28 16 1 27 11 12.2 131 0.01
KL42-03 617.9 620.9 0.79 7900 0.1 1.7 193 140 92 53 1 12 74 4.8 186 0.32
KL42-03 620.9 623.9 0.32 3200 0.05 1 81 92 67 73 1 10 1.9 7.8 208 0.28
KL42-03 623.9 626.9 0.507 5070 0.1 1.5 126 88 45 58 0.01 8 16 4.1 187 0.15
KL42-03 626.9 629.9 0.441 4410 0.09 1 219 121 31 61 0.01 7 1.6 5.5 257 0.01
KL42-03 629.9 632.9 0.33 3300 0.06 1 108 50 10 83 1 6 2.3 3.3 211 0.01
KL42-03 632.9 635.9 0.183 1830 0.04 1 328 102 140 85 1 4 7.8 3.3 238 0.19
KL42-03 635.9 638.9 0.132 1320 0.02 1.1 173 72 110 132 1 5 4.3 2.7 135 0.16
KL42-03 638.9 641.9 0.164 1640 0.01 0.8 182 76 91 102 1 4 7.9 2.5 148 0.24
KL42-03 641.9 644.9 0.22 2200 0.01 1.2 263 87 110 48 1 6 12.3 3.0 180 0.28
KL42-03 644.9 647.9 0.165 1650 0.01 0.9 176 88 67 53 1 4 35 3.3 215 0.11
KL42-03 647.9 650.9 0.179 1790 0.01 1.3 192 108 110 39 0.01 6 38 1.3 168 0.27
KL42-03 650.9 653.9 0.2 2000 0.02 0.9 122 36 57 169 0.01 5 8.3 4.0 201 0.14
KL42-03 653.9 656.9 0.184 1840 0.02 0.9 106 38 60 165 0.01 6 2.9 2.0 108 0.17
KL42-03 656.9 659.9 0.51 5100 0.02 1.6 221 118 160 97 0.01 10 9 3.3 207 0.23
KL42-03 659.9 662.9 0.401 4010 0.01 1.4 225 79 78 152 1 7 7.4 3.5 155 0.2
KL42-03 662.9 665.9 0.37 3700 0.05 1.6 124 53 22 62 1 7 4.1 3.8 187 0.01
KL42-03 665.9 668.9 0.34 3400 0.09 8.3 630 248 160 84 1 8 56 6.8 114 0.32
KL42-03 668.9 671.9 0.28 2800 0.09 1.9 362 113 37 76 1 6 3.5 2.3 140 0.11
KL42-03 671.9 674.9 0.26 2600 0.07 1.6 186 76 50 71 2 5 7 5.3 81 0.14
KL42-03 674.9 677.9 0.19 1900 0.06 5.5 161 75 35 90 1 6 12.6 3.0 128 0.01
KL42-03 677.9 680.9 0.191 1910 0.03 7.6 169 206 60 221 1 5 24 2.8 175 0.01
KL42-03 680.9 683.9 0.27 2700 0.04 4.9 162 162 75 173 1 6 10.8 4.5 164 0.1
KL42-03 683.9 686.9 0.33 3300 0.18 13.7 239 165 34 1070 3 9 6.9 6.3 149 0.01
KL42-03 686.9 689.9 0.26 2600 0.03 2.6 120 65 14 82 1 9 1 3.9 228 0.01
KL42-03 689.9 692.9 0.308 3080 0.05 4.1 2280 860 30 117 2 15 3.7 7.5 175 0.1
KL42-03 692.9 695.9 0.61 6100 0.12 5.6 680 290 31 446 3 8 4.4 7.6 221 0.14



Appendix V - 358 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-03 695.9 698.9 0.62 6200 0.15 8.9 3340 1540 58 196 1 8 7 3.5 195 0.26
KL42-03 698.9 701.9 0.53 5300 0.11 7.1 290 169 73 184 1 9 11 4.7 187 0.1
KL42-03 701.9 704.9 0.25 2500 0.09 2.1 173 75 30 110 2 7 3.5 2.8 167 0.01
KL42-03 704.9 707.9 0.24 2400 0.18 2.3 151 85 14 96 1 7 0.5 3.3 126 0.01
KL42-03 707.9 710.9 0.32 3200 0.08 1.7 373 191 28 237 1 6 3.5 3.8 156 0.01
KL42-03 710.9 713.9 0.33 3300 0.04 2.2 325 152 31 840 1 10 6.4 4.0 164 0.01
KL42-03 713.9 716.9 0.62 6200 0.17 13.2 1280 2680 94 163 4 9 14.5 3.0 137 0.3
KL42-03 716.9 719.9 0.55 5500 0.13 13.8 590 209 140 213 2 8 30 5.3 134 0.21
KL42-03 719.9 722.9 0.491 4910 0.13 4.8 1120 319 190 240 2 9 4 5.5 155 0.41
KL42-03 722.9 725.9 1 10000 0.35 47 3100 1550 75 207 9 6 34 11.0 148 0.46
KL42-03 725.9 728.9 0.27 2700 0.1 3.9 281 211 74 110 1 10 1.9 4.0 160 0.01
KL42-03 728.9 731.9 0.444 4440 0.22 10.9 333 390 84 156 3 10 8.8 4.8 151 0.1
KL42-03 731.9 734.9 0.411 4110 0.19 13.1 238 251 42 166 7 5 10.2 4.0 160 0.01
KL42-03 734.9 737.9 0.27 2700 0.11 7.4 500 285 28 147 4 4 5.8 5.3 211 0.01
KL42-03 737.9 740.9 0.374 3740 0.11 6.8 388 384 20 150 2 5 5.3 4.3 164 0.01
KL42-03 740.9 743.9 0.322 3220 0.12 9.6 2860 1250 32 110 5 4 5.6 3.0 200 0.14
KL42-03 743.9 746.9 0.29 2900 0.13 5.1 378 400 13 66 4 3 2.8 3.5 174 0.01
KL42-03 746.9 749.9 0.178 1780 0.1 5.2 110 211 11 81 3 6 1.5 2.0 117 0.01
KL42-03 749.9 752.9 0.28 2800 0.08 5.2 118 94 13 149 3 5 2.4 2.8 124 0.01
KL42-03 752.9 755.9 0.29 2900 0.09 9.8 81 106 28 123 3 4 4.4 4.3 124 0.01
KL42-03 755.9 758.9 0.436 4360 0.15 14.3 210 144 81 75 3 8 6.3 5.8 135 0.01
KL42-03 758.9 761.9 0.23 2300 0.11 7.4 143 142 31 67 1 9 4.6 5.3 132 0.01
KL42-03 761.9 764.9 0.157 1570 0.09 3.1 164 167 20 75 1 7 5.7 3.5 142 0.01
KL42-03 764.9 767.9 0.22 2200 0.06 2.5 183 234 20 109 1 14 4.7 8.6 151 0.01
KL42-03 767.9 770.9 0.275 2750 0.09 4.8 170 266 82 92 1 10 13.1 5.3 136 0.01
KL42-03 770.9 773.9 0.27 2700 0.07 5.9 208 170 68 119 1 8 7.8 3.9 214 0.01
KL42-03 773.9 776.9 0.72 7200 0.21 8.7 286 232 43 79 0.01 25 4.6 8.3 104 0.01
KL42-03 776.9 779.9 0.34 3400 0.15 3.3 287 113 12 67 0.01 17 0.9 6.8 99 0.01
KL42-03 779.9 782.9 0.22 2200 0.14 2.4 75 38 9 49 0.01 13 0.3 3.5 103 0.01
KL42-03 782.9 785.9 0.24 2400 0.14 3.5 106 91 15 29 0.01 16 1.2 5.8 84 0.01
KL42-03 785.9 788.9 0.466 4660 0.24 5 171 157 20 96 0.01 17 1.1 7.3 94 0.01
KL42-03 788.9 791.9 0.452 4520 0.21 4.5 81 105 5 213 0.01 13 0.9 5.8 85 0.01
KL42-03 791.9 794.9 0.3 3000 0.16 3.3 94 150 13 97 1 14 0.8 5.5 79 0.01
KL42-03 794.9 797.9 0.487 4870 0.27 5.6 109 264 35 126 1 17 1.1 8.8 106 0.01
KL42-03 797.9 800.9 0.22 2200 0.13 1.6 85 39 10 94 0.01 15 0.01 4.0 103 0.01
KL42-03 800.9 803.9 0.25 2500 0.13 1.4 80 30 11 110 0.01 13 0.01 2.5 112 0.01
KL42-03 803.9 806.9 0.25 2500 0.14 1.3 148 47 21 146 0.01 11 0.7 2.8 92 0.01
KL42-03 806.9 809.9 0.32 3200 0.15 2.4 185 51 12 152 0.01 19 0.5 5.8 80 0.01
KL42-03 809.9 812.9 0.362 3620 0.11 5.4 1230 570 45 153 1 13 5.5 9.5 92 0.12
KL42-03 812.9 815.9 0.29 2900 0.11 1.3 84 36 18 410 1 17 1.4 5.3 71 0.01
KL42-03 815.9 818.9 1.04 10400 0.28 3.8 148 22 14 112 2 275 0.4 13.0 46 0.01
KL42-03 818.9 821.6 1.76 17600 0.68 4.2 158 10 1 136 1 87 0.01 7.0 26 0.01
KL42-03 821.6 823.3 0.56 5600 0.16 2 111 13 1 22 0.01 32 0.01 2.5 59 0.01
KL42-03 823.3 826.4 0.365 3650 0.23 1.1 72 9 3 146 0.01 14 0.01 2.3 29 0.01
KL42-03 826.4 829.5 0.06 600 0.01 0.01 52 15 2 18 0.01 11 0.01 1.3 36 0.01
KL42-03 829.5 832.6 0.26 2600 0.13 1 73 17 5 15 0.01 15 0.01 3.0 32 0.01
KL42-03 832.6 835.7 0.11 1100 0.07 1.1 119 68 4 16 2 18 0.01 3.8 39 0.01
KL42-03 835.7 838.8 0.162 1620 0.17 0.6 82 9 1 9 0.01 32 0.01 2.0 48 0.01
KL42-03 838.8 841.9 0.23 2300 0.11 0.8 63 10 3 8 0.01 24 0.2 5.3 36 0.01
KL42-03 841.9 845 0.153 1530 0.08 0.9 54 13 5 55 0.01 27 0.01 8.7 44 0.01
KL42-03 845 848 0.24 2400 0.09 1 40 7 0.01 49 0.01 4 0.01 1.9 21 0.01
KL42-03 848 850.3 0.076 760 0.05 0.6 27 6 0.01 10 0.01 6 0.4 0.8 13 0.01
KL42-03 850.3 853.7 0.442 4420 0.49 1.4 86 10 2 21 0.01 27 0.01 7.0 36 0.01
KL42-03 853.7 856.2 0.67 6700 0.69 2.1 314 16 0.01 8 0.01 28 0.2 7.0 51 0.01
KL42-03 856.2 859.3 0.57 5700 0.55 1.5 166 10 0.01 7 0.01 29 0.01 4.8 44 0.01
KL42-03 859.3 862.4 0.64 6400 0.46 1.6 135 9 0.01 16 0.01 15 0.01 4.8 38 0.15
KL42-03 862.4 866 1.45 14500 0.92 3.1 251 8 0.01 8 2 32 0.01 9.0 43 0.01
KL42-03 866 869 1.64 16400 0.76 3.7 257 9 0.01 6 1 45 0.01 8.8 38 0.01
KL42-03 869 872.1 4.3 43000 2.54 157 2300 1340 1480 5 810 43 12.8 1.0 56 0.34
KL42-03 872.1 875.2 0.6 6000 0.35 1 126 9 2 3 0.01 28 0.01 4.3 42 0.01
KL42-03 875.2 878.3 0.45 4500 0.37 1.7 1230 2390 3 5 1 10 0.3 5.0 28 0.01
KL42-03 878.3 881.4 0.415 4150 0.47 1 89 16 2 11 0.01 10 0.01 4.5 52 0.01
KL42-03 881.4 884.5 0.26 2600 0.33 1.2 126 10 3 8 0.01 17 0.2 3.0 48 0.01



Appendix V - 359 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-03 884.5 887.6 0.088 880 0.15 7 138 303 15 52 1 6 3.4 2.1 122 0.01
KL42-03 887.6 890.9 0.038 380 0.04 0.01 187 45 3 56 0.01 6 0.3 1.8 75 0.01
KL42-03 890.9 893.9 0.091 910 0.08 1.6 79 71 7 90 0.01 4 2.4 0.8 97 0.01
KL42-03 893.9 896.9 0.042 420 0.03 0.6 96 10 2 8 0.01 11 0.2 1.0 24 0.01
KL42-03 896.9 899.9 0.059 590 0.03 0.9 59 7 2 20 0.01 6 0.3 0.7 30 0.01
KL42-03 899.9 902.9 0.062 620 0.02 0.5 32 11 3 16 0.01 3 0.3 2.3 96 0.01
KL42-03 902.9 905.9 0.0299 299 0.01 0.01 63 9 9 8 0.01 7 0.01 2.0 64 0.01
KL42-03 905.9 908.9 0.0276 276 0.16 0.01 37 24 4 18 0.01 2 0.6 1.0 47 0.01
KL42-03 908.9 911.9 0.048 480 1.11 14.2 104 130 12 132 1 4 1.5 3.5 129 0.01
KL42-03 911.9 914.9 0.062 620 0.12 39 203 318 13 130 1 2 3.2 1.0 133 0.01
KL42-03 914.9 917.9 0.049 490 0.04 0.8 36 26 5 127 0.01 2 0.2 0.7 144 0.01
KL42-03 917.9 920.9 0.106 1060 0.16 1.5 76 24 56 180 2 7 0.3 1.5 110 0.01
KL42-03 920.9 923.9 0.059 590 0.04 0.01 30 10 1 37 0.01 3 0.2 1.0 81 0.01
KL42-03 923.9 926.9 0.189 1890 0.03 1.4 38 11 1 82 9 4 0.3 2.3 39 0.01
KL42-03 926.9 929.9 0.07 700 0.02 0.5 18 10 0.01 14 0.01 0.01 0.2 1.3 16 0.01
KL42-03 929.9 932.9 4.11 41100 1.02 108 3400 14200 52 66 268 6 125 14.4 79 0.2
KL42-03 932.9 935.9 2.54 25400 0.44 12.8 1690 1580 8 46 80 11 3.4 10.0 46 0.01
KL42-03 935.9 938.9 1.95 19500 0.42 17.3 590 74 2 28 285 15 0.5 8.5 45 0.01
KL42-03 938.9 941.9 0.94 9400 0.16 3.2 189 18 1 154 80 10 0.01 3.3 17 0.01
KL42-03 941.9 944.9 0.073 730 0.02 1.2 54 29 3 17 0.01 0.01 0.5 1.0 12 0.01
KL42-03 944.9 947.9 0.443 4430 0.27 2.3 183 161 1 9 1 27 1 4.3 34 0.01
KL42-03 947.9 950.9 0.71 7100 0.46 3.4 109 11 2 7 3 24 0.3 6.1 28 0.01
KL42-03 950.9 953.9 0.94 9400 0.66 3.1 123 10 1 17 2 30 0.3 4.5 22 0.01
KL42-03 953.9 956.9 0.56 5600 0.44 2.3 103 10 7 6 0.01 16 0.4 4.8 24 0.01
KL42-03 956.9 959.9 0.32 3200 0.2 1.5 62 7 1 4 0.01 10 0.01 2.2 20 0.01
KL42-03 959.9 962.1 1.06 10600 1.12 6.3 333 11 2 5 7 48 2.1 9.0 43 0.01
KL42-03 962.1 964.3 0.34 3400 0.33 2.4 233 12 7 12 5 16 3.8 2.3 33 0.01
KL42-03 964.3 967.3 0.31 3100 0.72 1 68 10 0.01 4 1 17 0.01 3.8 27 0.01
KL42-03 967.3 969.6 0.97 9700 0.84 2.2 147 12 0.01 6 0.01 38 0.01 5.8 36 0.01
KL42-03 969.6 971.9 2.57 25700 1.16 6.2 317 10 1 4 0.01 54 0.01 6.0 25 0.01
KL42-03 971.9 973.5 0.164 1640 0.06 0.01 113 8 0.01 5 0.01 19 0.01 1.8 30 0.01
KL42-03 973.5 976.5 0.7 7000 0.2 1.6 121 11 0.01 5 0.01 19 0.3 5.3 33 0.01
KL42-03 976.5 979.2 0.35 3500 0.32 0.6 140 6 0.01 6 0.01 29 0.4 5.0 40 0.01
KL42-03 979.2 982.3 0.54 5400 0.16 1.5 164 46 2 58 0.01 13 0.6 5.0 78 0.01
KL42-03 982.3 985.1 0.181 1810 0.08 1 127 340 4 80 2 8 0.5 2.8 70 0.01
KL42-03 985.1 988.2 0.168 1680 0.05 0.8 34 11 0.01 34 0.01 5 0.01 2.1 60 0.01
KL42-03 988.2 991.2 0.219 2190 0.25 3.9 295 135 8 125 4 6 0.6 3.5 91 0.01
KL42-03 991.2 994.3 0.188 1880 0.14 2 74 83 7 66 2 8 1.2 3.3 71 0.01
KL42-03 994.3 997.4 0.185 1850 0.14 2.5 1120 144 14 32 2 6 1.5 3.5 58 0.01
KL42-03 997.4 1000.5 0.24 2400 0.13 1.9 70 10 2 89 1 9 0.2 4.0 85 0.01
KL42-03 1000.5 1003.6 0.3 3000 0.13 1.6 73 13 1 204 1 9 0.2 3.8 82 0.01
KL42-03 1003.6 1006.7 0.449 4490 0.07 2.3 191 70 0.01 137 1 27 0.6 9.4 87 0.01
KL42-03 1006.7 1009.8 0.152 1520 0.08 0.7 77 22 1 249 1 10 0.01 4.0 101 0.01
KL42-03 1009.8 1012.9 0.34 3400 0.54 8.2 415 520 16 187 11 8 1.5 2.8 55 0.01
KL42-03 1012.9 1015.3 0.161 1610 0.07 1.3 129 38 2 62 2 12 0.4 2.0 73 0.01
KL42-03 1015.3 1018.4 0.113 1130 0.02 2.3 212 189 13 164 2 3 3 3.0 129 0.01
KL42-03 1018.4 1022.2 0.182 1820 0.03 1.5 181 87 1 23 1 15 0.01 7.4 63 0.01
KL42-03 1022.2 1025.9 0.29 2900 0.12 0.8 72 20 2 6 0.01 10 0.01 3.8 17 0.01
KL42-03 1025.9 1028.9 0.106 1060 0.03 0.6 54 28 1 16 1 4 0.4 0.7 98 0.01
KL42-03 1028.9 1031.5 0.25 2500 0.07 1.3 61 34 1 13 1 7 0.4 5.3 22 0.01
KL42-03 1031.5 1034.9 0.8 8000 0.29 1.6 170 20 1 3 1 30 0.4 7.7 13 0.01
KL42-03 1034.9 1037.9 0.28 2800 0.11 2.9 212 42 3 47 2 19 0.6 3.3 18 0.01
KL42-03 1037.9 1039.7 0.086 860 0.03 0.6 124 13 0.01 5 0.01 30 0.5 1.3 22 0.01
KL42-03 1039.7 1041.4 0.157 1570 0.03 1.1 54 13 1 217 1 12 0.3 2.0 24 0.01
KL42-03 1041.4 1043.9 0.55 5500 0.26 1.7 88 29 2 8 0.01 11 0.4 3.8 21 0.01
KL42-03 1043.9 1046.9 0.3 3000 0.26 0.9 126 16 1 4 0.01 33 0.01 4.5 31 0.01
KL42-03 1046.9 1049.2 0.218 2180 0.12 0.01 124 14 1 6 0.01 25 0.5 2.5 17 0.01
KL42-03 1049.2 1052.3 0.079 790 0.09 2.4 440 600 2 14 2 15 0.9 3.6 62 0.01
KL42-03 1052.3 1054.5 0.058 580 0.06 0.01 116 18 0.01 7 1 34 0.01 0.9 24 0.01
KL42-03 1054.5 1057 0.142 1420 0.13 0.01 92 18 5 28 0.01 15 0.2 1.8 22 0.01
KL42-03 1057 1060.6 0.29 2900 0.18 1 85 34 2 16 0.01 16 0.5 4.5 22 0.01
KL42-03 1060.6 1062.6 0.54 5400 0.13 1.1 86 13 1 12 0.01 17 0.3 3.8 17 0.01
KL42-03 1062.6 1066.8 0.118 1180 0.05 0.5 76 114 0.01 9 0.01 4 0.3 2.3 16 0.01



Appendix V - 360 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-03 1066.8 1070.6 0.185 1850 0.05 0.9 48 40 2 10 0.01 7 0.2 3.3 43 0.01
KL42-03 1070.6 1073 0.375 3750 0.27 5.5 200 260 0.01 172 1 19 1.1 4.5 16 0.01
KL42-03 1073 1075.6 0.31 3100 0.17 0.9 92 15 0.01 44 0.01 32 0.01 2.8 21 0.01
KL42-03 1075.6 1078.7 0.65 6500 0.58 1.7 147 11 0.01 4 5 19 0.01 3.3 15 0.01
KL42-03 1078.7 1081.5 0.468 4680 0.26 1 130 8 0.01 6 0.01 34 0.2 2.5 25 0.01
KL42-03 1081.5 1084.3 0.83 8300 0.41 1.2 108 7 1 4 1 18 0.4 5.6 17 0.01
KL42-03 1084.3 1087.8 0.461 4610 0.17 0.8 115 10 0.01 5 0.01 19 0.2 3.1 20 0.01
KL42-03 1087.8 1090 0.31 3100 0.08 0.6 107 10 0.01 3 0.01 28 0.2 2.3 20 0.01
KL42-03 1090 1093.2 1.9 19000 0.4 4.3 196 10 1 15 0.01 63 0.2 3.5 26 0.01
KL42-03 1093.2 1095.2 0.078 780 0.05 0.7 127 65 4 34 0.01 13 0.2 2.5 106 0.01
KL42-03 1095.2 1098 0.177 1770 0.05 1.3 346 212 1 181 1 10 0.3 4.8 164 0.01
KL42-03 1098 1100.9 0.193 1930 4.84 0.9 103 45 1 249 0.01 13 0.3 7.1 142 0.01
KL42-03 1100.9 1103.9 0.08 800 0.03 0.7 249 121 2 273 1 3 1 1.4 163 0.01
KL42-03 1103.9 1107 0.099 990 0.05 1 213 128 8 78 1 6 0.9 4.3 123 0.01
KL42-03 1107 1111 0.098 980 0.04 0.01 262 133 3 180 0.01 7 0.6 3.5 168 0.01
KL42-03 1111 1114.7 0.211 2110 0.02 0.8 136 82 2 127 1 8 0.4 4.3 160 0.01
KL42-03 1114.7 1117.8 0.166 1660 0.05 1 142 61 3 470 1 17 1.1 7.0 135 0.01
KL42-03 1117.8 1120.9 0.079 790 0.03 0.6 147 93 1 325 0.01 6 0.01 3.9 208 0.01
KL42-03 1120.9 1124 0.53 5300 0.17 1.7 103 28 3 110 1 16 0.4 8.5 148 0.01
KL42-03 1124 1127.1 0.407 4070 0.09 1.3 97 18 2 43 1 14 0.01 4.5 127 0.01
KL42-03 1127.1 1130.2 0.27 2700 0.05 0.6 106 28 3 121 0.01 8 0.2 2.0 93 0.01
KL42-03 1130.2 1133.3 0.33 3300 0.13 4.8 277 354 590 162 1 13 1.3 4.3 65 0.01
KL42-03 1133.3 1136.4 0.417 4170 0.13 6.4 254 50 670 100 1 7 1.6 3.3 112 0.01
KL42-03 1136.4 1139.5 0.24 2400 0.04 0.8 101 25 6 247 1 9 0.3 4.8 119 0.01
KL42-04 0 2.7 0.0101 101 0.01 0.5 172 83 6 8 0.01 0.01 0.9 0.6 18 0.01
KL42-04 2.7 5.7 0.0064 64 0.01 0.01 103 55 5 4 0.01 0.01 1.5 1.0 16 0.1
KL42-04 5.7 8.7 0.0036 36 0.01 0.01 125 81 7 3 0.01 0.01 1.6 0.8 15 0.01
KL42-04 8.7 11.7 0.0034 34 0.01 0.5 134 78 6 3 0.01 0.01 0.5 0.9 15 0.01
KL42-04 11.7 14.7 0.0054 54 0.01 0.01 168 107 8 2 0.01 0.01 2.2 2.5 6 0.01
KL42-04 14.7 17.7 0.0045 45 0.1 0.5 153 42 6 3 0.01 0.01 1.1 1.5 19 0.13
KL42-04 17.7 20.7 0.006 60 0.02 0.01 61 30 3 3 0.01 0.01 0.6 1.2 25 0.01
KL42-04 20.7 23.7 0.0086 86 0.01 0.01 69 21 1 3 0.01 0.01 0.5 0.9 19 0.01
KL42-04 23.7 26.7 0.0112 112 0.01 0.01 67 22 4 4 0.01 0.01 0.4 0.6 18 0.01
KL42-04 26.7 29.7 0.024 240 0.01 0.01 48 25 6 5 0.01 0.01 0.3 0.7 27 0.01
KL42-04 29.7 32.7 0.0244 244 0.01 0.8 91 56 9 6 0.01 0.01 1.1 0.6 26 0.01
KL42-04 32.7 35.7 0.0192 192 0.03 1 228 138 14 5 0.01 0.01 2.4 2.2 24 0.12
KL42-04 35.7 38.6 0.0098 98 0.02 0.7 76 55 10 6 0.01 0.01 1.6 1.5 19 0.16
KL42-04 38.6 41.7 0.008 80 0.01 0.01 54 26 7 3 0.01 0.01 0.7 1.2 17 0.13
KL42-04 41.7 44.7 0.0085 85 0.01 0.01 56 31 7 3 0.01 0.01 0.6 2.0 16 0.01
KL42-04 44.7 47.7 0.0126 126 0.02 0.9 351 104 7 5 0.01 0.01 1.4 1.5 20 0.11
KL42-04 47.7 50.1 0.0171 171 0.01 1.7 140 63 16 7 0.01 0.01 2.5 1.9 15 0.19
KL42-04 50.1 53.2 0.0106 106 0.01 0.5 51 36 6 3 0.01 0.01 0.8 1.3 16 0.01
KL42-04 53.2 56.3 0.0047 47 0.01 0.01 53 69 5 4 0.01 0.01 0.5 1.7 16 0.01
KL42-04 56.3 59.4 0.0017 17 0.01 0.01 38 30 1 2 0.01 0.01 1 1.1 17 0.01
KL42-04 59.4 62.5 0.0036 36 0.14 0.8 100 60 12 5 0.01 0.01 2.8 5.0 28 0.11
KL42-04 62.5 65.6 0.0043 43 0.18 0.6 82 52 16 6 0.01 0.01 2.2 3.6 26 0.11
KL42-04 65.6 68.7 0.31 3100 0.21 47 19900 17800 530 4 0.01 0.01 363 16.0 24 0.65
KL42-04 68.7 71.7 0.0102 102 0.29 1.4 388 370 38 3 0.01 0.01 14.5 4.1 27 0.49
KL42-04 71.7 74.7 0.0104 104 0.12 1.2 181 252 30 6 3 0.01 2.9 7.2 23 0.1
KL42-04 74.7 77.7 0.0045 45 0.34 0.7 229 123 41 4 0.01 0.01 6.4 2.6 24 0.26
KL42-04 77.7 80.7 0.043 430 0.16 12 6700 25000 38 5 6 0.01 15.9 290.0 30 0.01
KL42-04 80.7 83.7 0.0041 41 0.07 1.6 272 810 29 3 3 0.01 2.6 12.0 24 0.01
KL42-04 83.7 86.7 0.0036 36 0.08 0.01 164 186 19 2 1 0.01 1.7 2.4 16 0.01
KL42-04 86.7 89.7 0.0064 64 0.14 0.5 267 193 31 7 0.01 0.01 2.8 3.4 28 0.01
KL42-04 89.7 92.7 0.058 580 0.14 7 405 650 37 16 42 0.01 2.7 19.3 37 0.01
KL42-04 92.7 95.7 0.048 480 0.05 2.2 490 430 39 96 14 0.01 3.7 5.5 46 0.1
KL42-04 95.7 98.7 0.052 520 0.11 0.6 500 123 88 178 1 0.01 6.1 3.6 96 0.17
KL42-04 98.7 101.7 0.0251 251 0.42 0.6 1050 63 73 335 2 3 6.4 3.9 71 0.12
KL42-04 101.7 104.3 0.052 520 3.44 14.7 460 406 110 805 78 3 7.3 9.6 49 0.24
KL42-04 104.3 107.7 0.29 2900 2.12 67 10100 8200 350 440 250 4 45 58.0 186 2.5
KL42-04 107.7 110.2 0.0239 239 0.37 5.2 378 1110 29 801 8 0.01 2.3 3.8 198 0.14
KL42-04 110.2 113.7 0.0396 396 0.31 1.4 2010 660 96 236 1 0.01 3.4 2.3 85 0.2
KL42-04 113.7 116.7 0.0323 323 0.65 5.9 6800 4500 180 890 4 3 6.1 13.8 53 0.47



Appendix V - 361 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-04 116.7 119.7 0.0395 395 0.81 15.2 3700 7500 68 450 3 0.01 7.3 6.8 55 0.52
KL42-04 119.7 122.7 0.025 250 0.3 7.3 1210 3500 34 250 0.01 0.01 5.1 6.2 302 0.23
KL42-04 122.7 127.1 0.0394 394 0.23 2.1 1630 660 69 1700 0.01 3 4.4 3.0 80 0.2
KL42-04 127.1 131.7 0.0193 193 0.56 11.1 9100 1600 320 342 28 3 10.1 8.3 96 0.26
KL42-04 131.7 134.7 0.012 120 0.49 4.1 3210 670 210 530 14 2 14.6 4.7 59 0.12
KL42-04 134.7 137.7 0.0097 97 0.08 1.9 410 152 76 480 5 0.01 9.3 1.6 33 0.01
KL42-04 137.7 140.9 0.092 920 0.21 2.6 3380 420 120 226 7 8 5.7 6.3 15 0.1
KL42-04 140.9 144 0.46 4600 0.2 7.9 13900 1200 810 273 16 19 26 13.2 17 0.75
KL42-04 144 146.7 0.066 660 0.32 3.3 4320 910 270 91 8 9 6.2 7.8 24 0.41
KL42-04 146.7 149 0.065 650 0.23 3.2 9300 500 210 139 18 9 6.9 7.8 28 0.27
KL42-04 149 152.7 0.0292 292 0.06 2 1790 880 110 30 5 3 4.3 4.6 22 0.11
KL42-04 152.7 155.4 0.035 350 0.05 2.8 2550 760 82 17 11 4 7.3 5.7 26 0.13
KL42-04 155.4 158 0.0157 157 0.06 1.7 940 470 24 14 7 2 2.6 4.7 23 0.11
KL42-04 158 160.9 0.054 540 0.1 3.9 4930 940 88 87 20 5 9.7 10.7 26 0.28
KL42-04 160.9 164.7 0.074 740 0.09 3.1 8700 880 180 294 12 6 8.1 14.4 33 0.24
KL42-04 164.7 167.4 0.075 750 0.42 4.6 17800 1540 200 83 32 15 4.3 11.3 38 0.2
KL42-04 167.4 170.6 0.051 510 0.12 5.6 15100 8500 120 37 5 3 11 10.6 35 0.12
KL42-04 170.6 173.7 0.097 970 0.4 9.2 9300 4600 130 60 23 8 10.3 20.4 35 0.26
KL42-04 173.7 175.7 0.138 1380 0.35 7.1 33200 1520 250 42 28 13 6.6 17.2 15 0.39
KL42-04 175.7 178.5 0.159 1590 1.97 13.2 33700 5500 490 103 282 28 10.2 26.0 33 1.49
KL42-04 178.5 180 0.066 660 0.74 4.2 23600 2600 290 57 18 17 7.5 16.8 16 0.85
KL42-04 180 182.4 0.55 5500 2.08 7.8 18200 410 510 83 22 51 8.7 21.5 72 0.14
KL42-04 182.4 185.7 0.36 3600 0.54 4.8 8900 192 130 1160 18 17 2.4 12.4 40 0.1
KL42-04 185.7 188.7 1.52 15200 0.86 16.7 22800 350 370 113 6 128 7.3 61.5 186 0.24
KL42-04 188.7 191.9 2.03 20300 1.42 13.1 34800 170 650 440 2 143 19.7 25.0 175 0.14
KL42-04 191.9 194.1 0.83 8300 1.54 6.9 14700 337 400 169 2 83 10.8 12.8 124 0.01
KL42-04 194.1 196.8 0.38 3800 1.32 4.5 15900 1450 480 100 1 50 13.7 13.0 110 0.01
KL42-04 196.8 199.9 1.81 18100 0.94 15.1 20800 200 250 296 2 119 8.4 23.5 106 0.12
KL42-04 199.9 202 4.25 42500 0.9 11.6 930 66 57 536 3 154 5.8 38.9 181 0.01
KL42-04 202 204.2 0.74 7400 0.16 0.9 460 45 35 770 2 21 1 10.3 57 0.01
KL42-04 204.2 206.7 0.42 4200 0.36 1.6 590 68 95 990 29 15 1.7 7.3 80 0.11
KL42-04 206.7 209.7 1.46 14600 0.4 5 1320 430 90 1910 33 22 2.2 11.5 105 0.26
KL42-04 209.7 212.7 2.02 20200 0.94 17.5 1980 300 220 1503 86 36 2.6 14.0 204 0.01
KL42-04 212.7 215 2.32 23200 1.78 37 9900 670 570 68 0.01 71 30 25.5 144 0.1
KL42-04 215 217.9 2.37 23700 1.12 39 11400 1570 640 1111 4 76 24 22.0 110 0.1
KL42-04 217.9 221 0.94 9400 0.55 5.3 2500 910 140 1720 6 23 3.7 10.0 68 0.01
KL42-04 221 224.1 0.53 5300 0.52 4.5 3180 880 240 840 7 24 4.5 8.8 37 0.01
KL42-04 224.1 227.2 1.98 19800 1.27 9 13700 2300 1060 1050 27 61 14.9 31.0 77 0.01
KL42-04 227.2 229.6 1.4 14000 1.72 10.7 49700 2700 770 535 23 82 32 76.0 68 0.12
KL42-04 229.6 232.2 1.57 15700 1.72 12.9 8900 1660 1770 152 4 79 38 17.5 77 0.11
KL42-04 232.2 235.8 0.83 8300 1.66 13.9 23000 3500 1410 640 26 76 26 36.6 64 0.1
KL42-04 235.8 238.9 0.104 1040 0.55 9.3 77800 9000 440 64 16 23 13.3 14.3 42 0.01
KL42-04 238.9 241.7 0.117 1170 1.17 10 41400 10000 500 154 27 21 13.5 45.4 63 0.32
KL42-04 241.7 244.8 0.13 1300 0.92 7.6 21200 9100 540 166 15 24 20.5 38.3 50 0.12
KL42-04 244.8 247.9 0.059 590 0.37 8.9 11700 14100 120 57 11 3 16.8 284.0 18 0.01
KL42-04 247.9 251 0.0304 304 0.22 0.01 850 270 39 20 1 3 2.4 7.3 13 0.1
KL42-04 251 254.1 0.063 630 1.33 5.5 4400 1870 500 166 17 15 38 32.7 35 0.5
KL42-04 254.1 257.2 0.089 890 0.25 1.8 2060 800 150 70 4 8 3.2 14.0 26 0.29
KL42-04 257.2 260.3 0.044 440 0.43 1.2 930 362 220 99 6 5 9.9 12.0 34 0.46
KL42-04 260.3 263.4 0.052 520 0.42 10.1 2740 2100 79 73 25 5 13.2 35.5 27 0.8
KL42-04 263.4 266.5 0.0394 394 0.41 5.1 1440 580 120 107 5 3 17.8 41.0 23 0.65
KL42-04 266.5 269.6 0.0318 318 0.31 3.9 4060 1590 63 56 24 5 4.8 0.0 25 0.42
KL42-04 269.6 272.7 0.0323 323 0.22 0.9 1750 368 69 30 5 12 3.1 14.3 17 0.17
KL42-04 272.7 275.7 0.07 700 0.4 6.7 6700 6700 200 97 17 7 11.8 36.0 28 0.47
KL42-04 275.7 278.7 0.069 690 0.44 4 7000 1850 67 116 18 7 8.9 32.0 31 0.66
KL42-04 278.7 281.7 0.053 530 0.32 3.4 5000 3000 100 116 7 8 22 31.5 28 0.6
KL42-04 281.7 284.7 0.22 2200 0.47 1.7 4960 273 160 140 2 20 12.4 11.2 38 0.66
KL42-04 284.7 287.7 0.063 630 1.1 0.6 840 85 180 176 1 5 13.9 6.0 88 1.06
KL42-04 287.7 290.7 0.168 1680 2.93 1.6 3380 79 240 315 4 10 12.3 10.5 187 1.82
KL42-04 290.7 293.7 0.062 620 0.67 0.7 1680 114 46 120 23 4 3.3 6.0 36 1.46
KL42-04 293.7 296.7 0.009 90 0.32 0.5 1020 720 38 11 0.01 2 8.1 16.2 27 2.08
KL42-04 296.7 299.7 0.0241 241 0.53 4 1100 840 100 22 2 3 20.1 6.0 31 2.73
KL42-04 299.7 302.7 0.0028 28 0.07 0.01 114 45 25 6 0.01 0.01 2.2 1.0 20 0.4



Appendix V - 362 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-04 302.7 305.7 0.0138 138 0.2 0.6 334 148 160 11 2 0.01 14.5 3.0 23 1.69
KL42-04 305.7 308.7 0.0028 28 0.05 0.01 371 167 37 6 0.01 2 6 4.3 20 0.43
KL42-04 308.7 311.7 0.004 40 0.11 8.7 142 71 28 5 0.01 0.01 4.1 2.5 17 0.01
KL42-04 311.7 314.7 0.0042 42 0.15 1.4 102 37 29 6 0.01 2 2.6 1.3 24 0.01
KL42-04 314.7 317.7 0.21 2100 0.68 2.6 3590 48 50 26 10 14 3.5 6.3 26 0.01
KL42-04 317.7 320.7 0.085 850 1.09 3.1 5200 960 59 51 60 6 4.9 49.0 24 0.01
KL42-04 320.7 323.7 0.0085 85 0.29 3.9 4290 2800 33 13 4 3 9.4 80.3 21 0.01
KL42-04 323.7 326.7 0.0125 125 0.3 1 191 56 50 6 1 0.01 8.4 3.5 23 0.1
KL42-04 326.7 329.7 0.111 1110 1.35 1.8 383 37 21 18 55 4 1.7 3.8 22 0.01
KL42-04 329.7 332.7 0.0048 48 0.16 1.9 640 450 180 10 0.01 0.01 3.3 0.0 14 0.01
KL42-04 332.7 335.7 0.0037 37 0.05 0.6 271 198 36 6 0.01 3 1.1 1.3 23 0.01
KL42-04 335.7 338.7 0.0046 46 0.08 0.5 420 191 14 6 0.01 3 1.5 0.8 17 0.01
KL42-04 338.7 341.7 0.151 1510 0.35 2.2 470 410 48 660 5 3 2.3 4.5 25 0.15
KL42-04 341.7 344.7 0.46 4600 0.81 4.5 381 242 78 237 12 9 4.7 2.5 25 0.13
KL42-04 344.7 347.7 0.0128 128 0.08 0.01 210 46 24 12 1 2 1.6 0.0 21 0.01
KL42-04 347.7 350.7 0.0189 189 0.26 1.4 304 50 46 100 8 3 2.4 0.8 22 0.01
KL42-04 350.7 353.7 0.0092 92 0.06 0.01 137 22 160 13 0.01 3 4.2 0.0 20 0.01
KL42-04 353.7 356.7 0.0082 82 0.02 0.01 105 24 36 5 0.01 4 1.7 0.0 19 0.01
KL42-04 356.7 359.7 0.0195 195 0.05 0.01 198 19 130 78 0.01 4 3.4 0.0 21 0.1
KL42-04 359.7 362.7 0.0132 132 0.01 0.01 137 15 47 13 0.01 2 2.1 0.0 18 0.19
KL42-04 362.7 365.7 0.0076 76 0.01 0.01 123 41 59 14 0.01 2 13.5 0.0 16 0.2
KL42-05 0 4.7 0.011 110 0.05 1.7 610 248 9 4 0.01 0.01 1.3 1.6 14 0.28
KL42-05 4.7 7.5 0.0012 12 0.02 0.01 102 62 8 3 0.01 0.01 1 0.8 15 0.01
KL42-05 7.5 10 0.001 10 0.03 0.8 205 116 10 3 0.01 0.01 1.3 1.4 16 0.1
KL42-05 10 13.5 0.0009 9 0.01 0.5 174 75 9 4 0.01 0.01 1.3 1.5 17 0.01
KL42-05 13.5 16.9 0.0012 12 0.02 1.2 230 148 11 3 0.01 0.01 2.1 1.5 19 0.1
KL42-05 16.9 19.4 0.0011 11 0.01 0.7 162 64 13 2 0.01 0.01 0.8 1.0 16 0.01
KL42-05 19.4 22.7 0.0016 16 0.06 1.2 135 194 8 4 0.01 0.01 1.6 1.3 16 0.17
KL42-05 22.7 24.8 0.0018 18 0.06 0.5 221 109 7 3 0.01 0.01 1.3 2.1 17 0.14
KL42-05 24.8 26.8 0.0031 31 0.01 0.01 131 31 3 3 0.01 0.01 1.1 1.1 16 0.12
KL42-05 26.8 29.2 0.0022 22 0.02 0.01 109 56 10 3 0.01 0.01 1.8 2.1 20 0.1
KL42-05 29.2 32.8 0.0013 13 0.01 0.01 68 26 11 4 0.01 0.01 3.2 1.5 17 0.13
KL42-05 32.8 35.8 0.0014 14 0.01 0.01 120 44 10 4 0.01 0.01 3.1 1.5 37 0.1
KL42-05 35.8 38.8 0.0009 9 0.03 0.5 93 34 9 2 0.01 0.01 4.4 0.8 30 0.11
KL42-05 38.8 41.8 0.0012 12 0.01 0.01 74 26 12 4 0.01 0.01 1.7 0.9 34 0.1
KL42-05 41.8 44.8 0.0016 16 0.01 0.01 32 27 5 3 0.01 0.01 0.7 0.8 43 0.01
KL42-05 44.8 47.8 0.0021 21 0.01 0.01 28 16 12 4 0.01 0.01 0.6 1.4 33 0.01
KL42-05 47.8 50.8 0.0007 7 0.01 0.01 36 54 8 2 0.01 0.01 0.2 0.7 38 0.01
KL42-05 50.8 53.8 0.0016 16 0.01 0.01 55 34 7 0.01 0.01 0.01 1.1 0.5 33 0.1
KL42-05 53.8 56.8 0.0017 17 0.03 0.7 377 121 8 0.01 0.01 0.01 0.8 1.1 73 0.56
KL42-05 56.8 59 0.0008 8 0.07 0.7 282 152 7 0.01 0.01 0.01 1.2 1.2 59 0.49
KL42-05 59 61.2 0.0012 12 0.05 0.01 214 62 5 2 0.01 0.01 2 1.4 28 0.26
KL42-05 61.2 65.8 0.002 20 0.01 0.01 181 93 14 7 1 0.01 2.2 2.2 24 0.01
KL42-05 65.8 68.8 0.0039 39 0.01 0.5 82 102 12 23 0.01 0.01 3.1 1.4 58 0.01
KL42-05 68.8 71.8 0.0009 9 0.01 0.01 53 45 8 2 0.01 0.01 0.3 1.0 23 0.01
KL42-05 71.8 74.8 0.0013 13 0.01 0.01 800 254 11 3 0.01 2 1.3 2.1 18 0.12
KL42-05 74.8 77 0.001 10 0.01 0.01 219 85 16 3 0.01 0.01 1.8 1.4 26 0.01
KL42-05 77 80.1 0.0006 6 0.01 0.01 78 55 17 2 0.01 0.01 1.4 1.2 24 0.01
KL42-05 80.1 83.2 0.0021 21 0.01 1 353 193 17 3 0.01 0.01 13.7 1.5 18 0.18
KL42-05 83.2 86.3 0.0011 11 0.01 0.6 115 89 10 3 0.01 0.01 3.1 1.0 22 0.01
KL42-05 86.3 89.4 0.0008 8 0.01 0.01 56 50 11 0.01 0.01 0.01 0.8 1.2 23 0.1
KL42-05 89.4 92.5 0.0054 54 0.01 5.8 420 273 19 2 0.01 0.01 24 8.1 18 0.19
KL42-05 92.5 95.6 0.0017 17 0.02 1.2 247 153 12 3 0.01 0.01 12.2 2.7 20 0.14
KL42-05 95.6 98.7 0.0013 13 0.01 0.01 79 40 9 0.01 0.01 0.01 3.2 1.2 16 0.11
KL42-05 98.7 101.8 0.002 20 0.01 0.01 104 60 7 0.01 0.01 0.01 3.3 0.6 18 0.1
KL42-05 101.8 104.8 0.0013 13 0.01 0.01 78 37 11 0.01 0.01 0.01 2.4 1.5 20 0.11
KL42-05 104.8 107.8 0.0026 26 0.04 0.01 179 48 24 2 0.01 0.01 3.7 1.4 18 0.12
KL42-05 107.8 110.8 0.0033 33 0.03 0.01 150 131 21 3 0.01 0.01 2.9 1.9 22 0.13
KL42-05 110.8 113.8 0.0027 27 0.05 1.3 269 520 39 21 1 3 7.5 4.8 31 0.14
KL42-05 113.8 116.8 0.0018 18 0.05 1.3 188 258 24 4 0.01 0.01 3.3 1.9 25 0.1
KL42-05 116.8 119.8 0.0022 22 0.01 0.01 204 86 26 5 0.01 0.01 3.8 1.4 36 0.1
KL42-05 119.8 122.8 0.0054 54 0.04 0.6 440 131 58 2 1 0.01 3.1 3.9 38 0.1
KL42-05 122.8 125.8 0.0037 37 0.11 1 790 340 53 3 1 2 20.1 4.8 47 0.36



Appendix V - 363 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-05 125.8 128.8 0.0021 21 0.16 1.2 670 520 45 43 0.01 0.01 10.5 1.0 62 0.17
KL42-05 128.8 131.8 0.0027 27 0.07 0.8 1010 293 45 26 0.01 0.01 4 1.4 100 0.11
KL42-05 131.8 135 0.0104 104 0.1 1.5 1330 540 49 36 0.01 5 14 2.5 69 0.19
KL42-05 135 137.8 1.61 16100 1.34 122 32600 39000 1910 43 146 55 208 68.5 154 6.94
KL42-05 137.8 140.8 0.3 3000 0.78 41 6700 14500 800 3700 80 36 382 32.0 188 2.8
KL42-05 140.8 143.8 0.123 1230 0.53 29.8 17700 15000 300 80 5 3 153 29.0 223 4.85
KL42-05 143.8 146.8 0.0067 67 0.5 11.4 2100 7100 45 25 5 0.01 3.8 7.2 215 0.5
KL42-05 146.8 149.8 0.017 170 0.48 11 1290 3510 77 28 2 0.01 17 4.3 188 0.3
KL42-05 149.8 152.8 0.084 840 0.43 29.6 1300 3910 160 15 42 2 45 5.8 205 0.28
KL42-05 152.8 155.7 0.0059 59 0.28 11.8 1240 6000 75 10 4 2 5.8 3.0 243 0.24
KL42-05 155.7 158.8 0.0049 49 0.18 3 2610 1350 27 20 0.01 3 4 3.0 183 0.28
KL42-05 158.8 161.7 0.0035 35 0.09 2.1 1870 670 20 96 2 0.01 2.8 3.3 97 0.16
KL42-05 161.7 164.5 0.002 20 0.09 4.8 1660 600 25 105 8 0.01 2 2.8 156 0.22
KL42-05 164.5 166.7 0.0046 46 0.33 6 4440 1630 53 113 7 3 3.8 5.3 123 0.42
KL42-05 166.7 169.3 0.0236 236 0.39 5.8 3340 1710 80 496 42 2 7.5 8.8 125 0.44
KL42-05 169.3 173.8 0.0094 94 0.59 5.2 8000 2200 150 520 1 2 7.8 4.5 70 0.58
KL42-05 173.8 179.8 0.0047 47 0.22 2.3 1520 960 99 654 1 3 10 3.7 109 0.11
KL42-05 179.8 185.8 0.0336 336 0.29 9.2 2690 730 230 575 2 4 40 6.3 97 0.2
KL42-05 185.8 188.7 0.59 5900 0.84 12.6 24000 302 1910 180 130 88 67 30.5 88 0.4
KL42-05 188.7 191.6 0.279 2790 0.9 9.2 3210 790 1230 747 170 20 57 41.5 130 0.34
KL42-05 191.6 195.1 0.264 2640 0.33 3.8 2180 323 800 102 48 15 48 10.5 45 0.19
KL42-05 195.1 198.9 0.06 600 0.11 3.2 4570 740 140 48 29 6 75 12.3 39 0.2
KL42-05 198.9 201.9 0.0138 138 0.22 2.4 2990 510 60 25 30 0.01 6.5 7.0 23 0.17
KL42-05 201.9 204.6 0.0079 79 0.23 1.9 1650 372 56 48 9 0.01 11.7 4.5 19 0.11
KL42-05 204.6 206.8 0.0267 267 0.5 2.4 3090 680 220 20 41 0.01 43 5.8 20 0.13
KL42-05 206.8 209.8 0.058 580 0.17 3.4 3260 970 170 35 15 3 108 7.2 25 0.16
KL42-05 209.8 212.8 0.0227 227 0.23 4.2 3050 1110 88 15 88 4 35 10.5 35 0.26
KL42-05 212.8 217.8 0.0066 66 0.04 0.7 500 192 14 8 2 0.01 1.6 3.4 24 0.01
KL42-05 217.8 220.8 0.0061 61 0.04 1.3 910 181 16 45 18 0.01 3 5.3 21 0.1
KL42-05 220.8 223.6 0.0088 88 0.03 1.1 335 130 16 76 7 0.01 1.8 6.4 24 0.01
KL42-05 223.6 226.6 0.0123 123 0.03 1.8 720 490 22 46 7 0.01 4 3.6 22 0.01
KL42-05 226.6 230.2 0.05 500 0.1 7.2 11000 8900 71 35 6 3 13.6 46.0 24 0.2
KL42-05 230.2 233.5 0.0229 229 0.1 1.2 840 339 90 79 5 0.01 14.6 5.7 20 0.01
KL42-05 233.5 236.8 0.084 840 0.24 3.6 4960 670 380 137 20 8 65 8.0 33 0.3
KL42-05 236.8 239.1 0.0078 78 0.24 1.6 2360 198 130 93 15 0.01 8.5 6.5 35 0.2
KL42-05 239.1 242.6 0.113 1130 0.31 21.4 7000 5500 340 393 140 4 44 23.3 23 0.24
KL42-05 242.6 245.4 0.0143 143 0.2 1 930 265 32 28 36 0.01 15.2 4.7 12 0.12
KL42-05 245.4 248.2 0.067 670 0.11 1.5 1720 230 160 38 9 3 66 5.2 15 0.11
KL42-05 248.2 251.8 0.0112 112 0.05 0.01 520 75 36 24 4 0.01 7 1.9 11 0.1
KL42-05 251.8 254.2 0.0043 43 0.01 0.01 480 62 5 14 4 0.01 3.4 1.4 10 0.01
KL42-05 254.2 256.7 0.0033 33 0.02 0.01 570 69 10 27 1 3 2 1.2 12 0.01
KL42-05 256.7 259.6 0.0119 119 0.07 1.1 3320 540 46 25 14 17 16 7.1 24 0.12
KL42-05 259.6 262 0.0122 122 0.07 1.2 3240 710 55 38 13 2 30 4.3 23 0.1
KL42-05 262 265.6 0.153 1530 0.29 2.8 33200 167 200 94 17 170 19.8 12.3 25 0.18
KL42-05 265.6 269.8 0.0103 103 0.04 0.01 1140 115 16 72 3 3 9.1 1.9 11 0.01
KL42-05 269.8 272.3 0.0054 54 0.01 0.7 880 92 6 17 3 0.01 0.9 1.0 10 0.01
KL42-05 272.3 274.9 0.0047 47 0.01 0.7 590 207 11 41 2 0.01 6.5 2.0 9 0.01
KL42-05 274.9 277.9 0.0108 108 0.02 1.4 1320 145 8 40 12 2 2.3 3.2 10 0.01
KL42-05 277.9 281.8 0.0051 51 0.02 0.5 710 147 7 64 0.01 2 3.5 1.7 8 0.1
KL42-05 281.8 285.3 0.296 2960 0.24 4.7 3740 1330 860 38 2 6 30 8.7 20 0.24
KL42-05 285.3 288 0.0148 148 0.03 0.5 670 72 21 116 3 0.01 2.3 2.2 11 0.01
KL42-05 288 291 0.0212 212 0.02 0.6 850 65 48 78 3 3 1.9 2.1 14 0.01
KL42-05 291 294 0.0317 317 0.03 0.6 1450 112 46 281 6 2 5.1 4.3 13 0.1
KL42-05 294 297.1 0.008 80 0.02 0.01 470 66 18 87 6 2 1 1.8 15 0.1
KL42-05 297.1 299.9 0.117 1170 0.08 1.9 4210 343 330 155 30 2 12 2.0 14 0.17
KL42-05 299.9 302 0.0031 31 0.01 2.4 1020 310 15 38 16 0.01 2.3 2.0 12 0.01
KL42-05 302 305.8 0.0204 204 0.04 2 3270 740 31 36 28 2 6.4 5.5 9 0.11
KL42-05 305.8 308.8 0.052 520 0.11 1.4 3010 400 130 45 20 2 18.7 8.8 20 0.1
KL42-05 308.8 311.8 0.007 70 0.03 0.7 1850 540 16 18 2 0.01 1.8 6.3 13 0.1
KL42-05 311.8 314.4 0.0387 387 0.03 1.3 890 402 76 12 12 0.01 18.9 5.0 10 0.1
KL42-05 314.4 317.2 0.037 370 0.05 1.2 1060 610 60 14 1 3 13.7 2.3 11 0.13
KL42-05 317.2 319.4 0.042 420 0.05 0.8 1410 480 60 6 0.01 0.01 9 6.7 12 0.1
KL42-05 319.4 323.2 0.034 340 0.06 1.5 2400 1100 42 8 1 2 7.2 11.5 11 0.1



Appendix V - 364 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-05 323.2 326.3 0.0133 133 0.22 0.9 1300 480 34 38 8 0.01 4.4 5.0 12 0.11
KL42-05 326.3 329.4 0.0316 316 0.05 1.3 1650 1350 47 15 1 0.01 5.7 8.0 17 0.1
KL42-05 329.4 332.5 0.0108 108 0.01 0.8 700 900 29 9 3 2 1.5 2.8 20 0.1
KL42-05 332.5 335.6 0.0385 385 0.08 15.8 14900 20200 36 48 7 3 11.3 89.0 20 0.11
KL42-05 335.6 338.7 0.053 530 0.09 20.6 11500 25900 68 18 16 2 40.5 54.0 20 0.12
KL42-05 338.7 341.8 0.0167 167 0.04 0.6 520 221 27 16 5 0.01 5.7 3.0 12 0.01
KL42-05 341.8 345.3 0.0074 74 0.05 0.6 345 430 21 6 1 2 2.8 5.5 9 0.1
KL42-05 345.3 348.5 0.0066 66 0.05 0.6 1120 406 23 7 0.01 0.01 4.4 2.8 8 0.16
KL42-05 348.5 350.8 0.107 1070 0.14 0.9 630 229 170 12 2 4 14.3 9.0 17 0.1
KL42-05 350.8 353.8 0.089 890 0.14 0.7 910 185 130 4 1 5 11.1 12.5 37 0.01
KL42-05 353.8 356.8 0.276 2760 0.4 1.1 385 76 74 9 5 4 4.1 11.3 14 0.01
KL42-05 356.8 359.3 1.37 13700 2 3.2 219 29 90 18 2 13 2.6 16.0 36 0.1
KL42-05 359.3 362.8 1.41 14100 1.55 3.7 214 82 29 19 1 18 0.2 22.5 31 0.01
KL42-05 362.8 365.8 0.91 9100 1.07 3.1 315 23 47 29 1 28 3.1 19.4 29 0.01
KL42-05 365.8 368.1 0.97 9700 0.61 2.4 730 65 88 17 2 16 36 10.0 31 0.11
KL42-05 368.1 370.8 1.99 19900 0.56 2.2 18000 33 32 1740 4 96 3.8 20.0 50 0.01
KL42-05 370.8 374.8 0.136 1360 0.07 0.01 460 86 46 830 0.01 6 5.6 4.3 116 0.1
KL42-05 374.8 377.8 0.133 1330 0.41 1.3 2490 580 250 2700 0.01 11 26 14.1 135 0.25
KL42-05 377.8 380.8 0.091 910 0.43 0.9 1470 294 200 1600 1 12 9.3 15.2 96 0.1
KL42-05 380.8 383.8 0.367 3670 0.21 1 1640 189 380 182 0.01 9 8.7 8.8 72 0.1
KL42-05 383.8 387.8 0.404 4040 0.3 1.1 400 38 30 31 4 10 1.1 6.5 29 0.01
KL42-05 387.8 389.8 1.24 12400 0.75 3.2 600 12 23 30 1 28 0.6 14.0 24 0.01
KL42-05 389.8 392.7 0.519 5190 0.61 1 155 14 22 15 4 9 0.4 6.8 19 0.01
KL42-05 392.7 395.4 0.54 5400 0.39 1.2 178 23 70 317 1 14 1.1 4.0 44 0.01
KL42-05 395.4 398.5 0.84 8400 0.55 2.6 235 15 27 64 14 29 2.6 6.3 22 0.1
KL42-05 398.5 400.8 0.58 5800 0.37 2.4 1670 1680 34 22 2 22 4.3 11.9 27 0.1
KL42-05 400.8 404.8 0.95 9500 0.46 1.8 192 42 27 14 1 31 2.8 8.5 20 0.01
KL42-05 404.8 407.8 0.55 5500 0.23 1.2 205 86 27 13 0.01 16 3.4 7.0 15 0.01
KL42-05 407.8 410.2 0.525 5250 0.21 1.9 580 710 55 32 1 17 3.8 7.4 20 0.01
KL42-05 410.2 413.8 0.63 6300 0.33 1.9 210 31 24 9 1 20 3.1 13.8 32 0.01
KL42-05 413.8 416.8 0.64 6400 0.13 2.9 325 117 23 30 0.01 15 1.8 9.3 19 0.01
KL42-05 416.8 419.8 0.85 8500 0.64 3.1 347 33 25 21 1 50 2.4 12.8 28 0.01
KL42-05 419.8 422.8 0.22 2200 0.24 1.2 690 29 24 19 1 24 2.6 5.8 22 0.01
KL42-05 422.8 425.8 0.515 5150 0.53 1.5 2540 14 24 5 6 32 2.5 8.3 20 0.01
KL42-05 425.8 428.7 0.69 6900 0.36 2 162 14 11 10 0.01 7 1 5.3 18 0.12
KL42-05 428.7 431.5 0.31 3100 0.25 2.1 10400 16 13 6 14 58 2.1 4.9 35 0.01
KL42-05 431.5 434.1 0.31 3100 0.19 1.1 970 35 9 36 1 13 1.5 4.2 18 0.01
KL42-05 434.1 437.2 0.088 880 0.05 0.6 101 25 3 11 0.01 4 0.6 1.5 12 0.01
KL42-05 437.2 440.1 0.24 2400 0.12 1 96 55 17 107 3 3 0.4 2.5 18 0.01
KL42-05 440.1 443.2 1.13 11300 0.53 2.6 480 18 6 7 5 46 3 6.5 22 0.01
KL42-05 443.2 446.8 0.65 6500 0.31 1.7 870 25 23 0.01 3 46 3.3 8.8 21 0.01
KL42-05 446.8 449.4 1.05 10500 0.54 2.1 860 110 130 27 0.01 32 7 11.5 21 0.01
KL42-05 449.4 452.5 0.279 2790 0.16 0.7 2290 34 32 14 0.01 40 2.2 5.5 21 0.01
KL42-05 452.5 455 0.126 1260 0.06 0.6 430 216 34 41 6 12 3.4 5.3 20 0.01
KL42-05 455 457.7 0.088 880 0.05 0.7 294 147 52 238 7 7 3.3 4.3 40 0.01
KL42-05 457.7 460.4 0.222 2220 0.33 1 3950 105 67 28 14 36 5.6 8.3 24 0.01
KL42-05 460.4 464.8 0.459 4590 0.43 1.5 1280 137 37 0.01 1 14 3.1 9.5 18 0.01
KL42-05 464.8 467.8 0.61 6100 0.4 2.2 338 66 43 3 3 26 0.8 28.4 43 0.01
KL42-05 467.8 470.8 0.77 7700 0.45 2.6 313 27 40 2 1 20 0.6 45.8 44 0.01
KL42-05 470.8 473.8 0.92 9200 0.96 1.5 147 9 10 3 0.01 15 0.3 8.3 24 0.01
KL42-05 473.8 476.8 1.06 10600 1.05 1.1 175 51 16 2 0.01 14 1.1 6.9 24 0.01
KL42-05 476.8 479.8 0.501 5010 0.57 0.8 172 42 15 2 0.01 11 1.2 4.3 67 0.01
KL42-05 479.8 482.8 1.65 16500 1.51 13.1 6700 1360 65 5 0.01 49 14 19.0 41 0.23
KL42-05 482.8 485.8 0.77 7700 0.61 3.2 12700 133 51 3 5 82 5.6 16.5 21 0.01
KL42-05 485.8 488.8 1.08 10800 1.2 1.8 960 66 20 4 0.01 40 3.2 8.5 27 0.01
KL42-05 488.8 491.8 1.45 14500 1.15 2 1570 32 4 4 0.01 70 1 9.5 28 0.01
KL42-05 491.8 494.8 0.33 3300 0.11 0.8 1400 190 29 3 1 17 1.4 12.8 38 0.01
KL42-05 494.8 497.8 1.46 14600 0.42 3.5 1820 390 60 2 2 40 2.5 35.5 50 0.01
KL42-05 497.8 499.2 0.63 6300 0.28 2.7 430 175 32 5 1 23 1.3 11.8 39 0.01
KL42-05 499.2 502.9 2.15 21500 0.98 7.2 2600 1240 27 8 9 72 3.1 35.0 118 0.01
KL42-05 502.9 504.2 0.23 2300 0.07 1 48 27 32 161 3 7 3.7 16.0 100 0.01
KL42-05 504.2 506.8 0.448 4480 0.07 0.9 44 21 51 23 5 12 0.8 39.0 117 0.01
KL42-05 506.8 510 0.6 6000 0.13 1.9 66 36 98 224 10 9 2.3 27.2 112 0.01



Appendix V - 365 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-05 510 513 0.463 4630 0.16 1.8 31 17 12 31 8 18 0.5 18.5 119 0.01
KL42-05 513 515.6 0.31 3100 0.27 1.8 33 15 12 26 7 11 0.4 15.9 160 0.01
KL42-05 515.6 518.7 0.3 3000 0.13 1.2 30 14 8 20 5 9 0.5 18.0 187 0.01
KL42-05 518.7 521.8 0.3 3000 0.15 1.1 29 19 9 12 3 9 0.2 17.3 131 0.01
KL42-05 521.8 524.8 0.29 2900 0.13 1.3 33 17 10 11 7 11 0.3 10.5 138 0.01
KL42-05 524.8 527.8 0.168 1680 0.1 1.2 35 40 8 30 3 8 0.4 19.5 169 0.01
KL42-05 527.8 530.7 0.26 2600 0.22 1.4 34 12 8 11 3 10 0.3 13.3 112 0.01
KL42-05 530.7 533 0.397 3970 0.22 1.6 45 39 9 16 4 9 0.3 12.0 96 0.01
KL42-05 533 536.1 0.21 2100 0.13 1 72 38 8 16 3 6 0.2 8.0 65 0.01
KL42-05 536.1 539.8 0.23 2300 0.11 1.4 55 21 7 28 5 7 0.3 4.3 67 0.01
KL42-05 539.8 542.8 0.132 1320 0.1 0.7 144 27 6 15 1 4 0.2 2.5 66 0.01
KL42-05 542.8 545.8 0.137 1370 0.07 0.6 44 13 1 8 1 5 0.01 1.5 63 0.01
KL42-05 545.8 548.8 0.107 1070 0.07 0.01 32 11 2 19 0.01 4 0.01 1.3 72 0.01
KL42-05 548.8 551.8 0.11 1100 0.07 0.5 38 12 3 13 0.01 5 0.3 4.0 53 0.1
KL42-05 551.8 554.8 0.099 990 0.09 0.8 460 35 3 22 0.01 4 0.3 1.8 59 0.01
KL42-05 554.8 557.8 0.215 2150 0.16 0.7 45 11 2 230 0.01 4 0.01 2.5 62 0.01
KL42-05 557.8 560.8 0.26 2600 0.12 2 168 124 4 63 1 8 0.4 1.8 78 0.01
KL42-05 560.8 563.8 0.25 2500 0.14 0.9 101 32 4 24 0.01 4 0.2 2.3 52 0.01
KL42-05 563.8 566.8 0.59 5900 0.5 1 45 14 2 42 0.01 7 0.01 6.9 51 0.01
KL42-05 566.8 569 0.58 5800 0.35 1.6 67 42 7 29 2 14 0.5 12.3 67 0.01
KL42-05 569 572.8 0.524 5240 0.07 1.4 198 108 9 33 1 4 1 4.5 270 0.01
KL42-05 572.8 575.8 0.391 3910 0.25 2.4 97 106 2 71 1 3 0.9 4.3 234 0.01
KL42-05 575.8 578.8 0.33 3300 0.22 1 162 25 4 13 0.01 13 0.4 3.3 187 0.01
KL42-05 578.8 581.8 0.25 2500 0.1 2.7 129 74 3 42 3 3 0.5 3.5 238 0.1
KL42-05 581.8 584.8 0.445 4450 0.7 14.2 279 107 74 968 16 11 18 12.0 246 0.58
KL42-05 584.8 587.8 0.474 4740 0.11 2.2 67 65 19 28 0.01 3 5.8 3.0 236 0.01
KL42-05 587.8 590.8 0.8 8000 0.14 3.8 32 29 2 36 2 7 1 4.0 132 0.01
KL42-05 590.8 593.8 0.496 4960 0.13 1.9 79 94 2 27 0.01 8 1.7 4.8 184 0.01
KL42-05 593.8 596.8 0.399 3990 0.23 1.8 152 90 23 33 0.01 7 8 3.5 216 0.13
KL42-05 596.8 599.8 0.31 3100 0.22 2.2 261 141 7 59 9 7 1.6 3.3 185 0.01
KL42-05 599.8 602.8 0.24 2400 0.15 1.5 109 84 2 14 1 5 1.3 1.8 203 0.01
KL42-05 602.8 605.8 0.119 1190 0.06 1.4 31 38 4 60 1 7 0.9 1.5 304 0.01
KL42-05 605.8 608.8 0.23 2300 0.1 2.1 31 22 7 56 1 7 0.8 4.8 318 0.01
KL42-05 608.8 611.8 0.109 1090 0.09 1.4 55 47 1 27 0.01 5 0.6 1.8 269 0.01
KL42-05 611.8 614.8 0.158 1580 0.05 1.4 460 870 4 827 0.01 7 1.5 3.5 386 0.01
KL42-05 614.8 617.8 0.175 1750 0.17 1.3 165 42 4 180 1 7 1.7 3.6 332 0.01
KL42-05 617.8 620.8 0.201 2010 0.03 0.6 185 59 44 78 0.01 11 2.5 1.8 413 0.01
KL42-05 620.8 623.8 0.169 1690 0.02 0.6 46 32 24 76 0.01 16 2.6 2.3 295 0.01
KL42-05 623.8 626.8 0.314 3140 0.03 1.4 30 25 0.01 183 0.01 5 1.4 2.3 220 0.01
KL42-05 626.8 629 0.29 2900 0.02 0.9 37 19 1 71 0.01 12 3.1 2.1 215 0.01
KL42-06 0 3.1 0.0285 285 0.02 3.5 810 243 8 2 0.01 0.01 1.6 1.7 16 0.2
KL42-06 3.1 6.6 0.065 650 0.04 6.3 1910 530 16 4 0.01 0.01 3.4 2.6 18 0.23
KL42-06 6.6 9.7 0.0101 101 0.04 0.8 120 101 5 2 0.01 0.01 1.2 0.0 19 0.01
KL42-06 9.7 12.2 0.0213 213 0.07 0.7 167 87 6 3 0.01 0.01 1.2 0.0 22 0.1
KL42-06 12.2 15 0.0127 127 0.04 0.6 131 63 3 2 0.01 0.01 1.1 0.0 19 0.11
KL42-06 15 18.1 0.0027 27 0.02 0.5 79 57 5 3 0.01 0.01 0.8 0.0 19 0.01
KL42-06 18.1 21.1 0.0026 26 0.03 0.7 100 55 4 2 0.01 0.01 1.2 1.0 18 0.1
KL42-06 21.1 24.3 0.0039 39 0.03 0.7 126 49 9 4 0.01 0.01 2.1 0.5 20 0.18
KL42-06 24.3 27.1 0.0022 22 0.03 0.7 89 48 4 0.01 0.01 0.01 1.1 0.0 17 0.11
KL42-06 27.1 30.1 0.002 20 0.02 0.6 72 57 3 2 0.01 0.01 1.4 0.0 17 0.12
KL42-06 30.1 33.3 0.0039 39 0.01 0.6 110 69 5 3 0.01 0.01 1.5 0.0 18 0.1
KL42-06 33.3 36.6 0.0026 26 0.02 0.8 113 76 5 0.01 0.01 0.01 1.2 0.8 19 0.1
KL42-06 36.6 38.9 0.0016 16 0.01 1 172 80 4 0.01 0.01 0.01 0.8 0.0 17 0.1
KL42-06 38.9 42.6 0.001 10 0.03 0.9 210 126 3 3 0.01 0.01 1 0.0 20 0.12
KL42-06 42.6 45.6 0.0014 14 0.05 2 590 185 8 3 0.01 0.01 2.2 1.0 20 0.11
KL42-06 45.6 48.1 0.0017 17 0.05 1.5 460 192 8 2 0.01 0.01 1.3 1.9 17 0.49
KL42-06 48.1 51.7 0.0047 47 0.02 0.8 193 68 3 3 0.01 0.01 0.5 0.8 18 0.16
KL42-06 51.7 55.5 0.0026 26 0.02 1.2 325 143 4 0.01 0.01 0.01 1.4 0.8 18 0.49
KL42-06 55.5 58.8 0.002 20 0.01 0.9 201 79 3 2 0.01 0.01 0.5 0.8 17 0.15
KL42-06 58.8 62.4 0.0011 11 0.01 1.1 176 64 1 3 0.01 0.01 0.6 0.5 20 0.16
KL42-06 62.4 64.9 0.0093 93 0.02 0.7 96 50 4 6 0.01 0.01 0.3 2.2 21 0.01
KL42-06 64.9 67.3 0.0098 98 0.01 0.6 43 33 1 4 0.01 0.01 0.2 0.8 21 0.01
KL42-06 67.3 69.9 0.0081 81 0.01 1 160 62 2 2 0.01 0.01 0.5 0.5 17 0.1



Appendix V - 366 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-06 69.9 72.4 0.0015 15 0.02 1.5 281 115 5 2 0.01 0.01 0.5 1.2 18 0.3
KL42-06 72.4 76.9 0.0015 15 0.01 0.7 152 75 6 0.01 0.01 0.01 0.6 1.9 21 0.13
KL42-06 76.9 80 0.0012 12 0.01 1.1 234 85 4 0.01 0.01 0.01 0.6 1.0 21 0.22
KL42-06 80 83.1 0.002 20 0.02 1 265 112 9 3 0.01 0.01 0.8 1.3 21 0.2
KL42-06 83.1 86.4 0.0033 33 0.03 1.2 800 286 21 3 0.01 0.01 1.7 0.5 25 0.22
KL42-06 86.4 89.1 0.002 20 0.03 0.8 380 145 4 2 0.01 0.01 0.7 1.0 23 0.1
KL42-06 89.1 92.8 0.0042 42 0.08 1 480 250 9 2 0.01 0.01 1 1.0 23 0.2
KL42-06 92.8 95.7 0.33 3300 0.08 1.9 630 354 33 3 2 0.01 8.7 1.2 26 0.17
KL42-06 95.7 98.4 1.12 11200 0.15 6.1 2600 1870 72 2 5 0.01 24 1.5 31 0.42
KL42-06 98.4 101.4 0.0381 381 0.13 4.9 3300 2900 51 2 4 0.01 3.6 3.8 22 0.57
KL42-06 101.4 104.8 0.0309 309 0.08 3.5 1920 1380 29 10 3 0.01 3 2.8 24 0.62
KL42-06 104.8 108.2 0.0055 55 0.1 2.8 1930 980 20 2 0.01 0.01 4 2.3 26 0.84
KL42-06 108.2 111.4 0.0104 104 0.11 1.1 750 272 16 7 0.01 0.01 2.1 0.5 28 0.4
KL42-06 111.4 114.8 0.0033 33 0.06 0.9 530 230 7 2 0.01 0.01 1.8 0.8 25 0.21
KL42-06 114.8 117.6 0.0024 24 0.02 0.01 145 63 5 3 0.01 0.01 0.9 1.5 27 0.01
KL42-06 117.6 120.2 0.0027 27 0.01 0.5 152 80 7 3 0.01 0.01 0.4 0.0 25 0.11
KL42-06 120.2 123 0.0152 152 0.24 2.7 1480 1200 19 3 3 0.01 0.9 1.2 31 0.26
KL42-06 123 125.4 0.0112 112 0.6 2.2 1230 690 20 3 0.01 0.01 1.6 1.0 41 0.13
KL42-06 125.4 128.4 0.0338 338 0.83 4.3 1980 1180 31 2 4 0.01 3.3 2.3 35 0.23
KL42-06 128.4 132.1 4.01 40100 2.03 37 1760 1440 920 4 52 0.01 230 3.5 286 1.04
KL42-06 132.1 134.1 5.79 57900 2.67 38 610 550 1770 5 62 2 355 12.0 145 1.53
KL42-06 134.1 137.7 0.0332 332 0.15 3.8 1880 960 31 0.01 0.01 0.01 5.5 3.3 33 0.17
KL42-06 137.7 140.4 0.0203 203 0.11 6 4800 1920 42 2 0.01 0.01 4.2 2.8 33 0.28
KL42-06 140.4 143.4 0.52 5200 0.23 135 40200 39100 1330 0.01 272 0.01 86 17.0 47 4.53
KL42-06 143.4 146.3 0.0278 278 0.18 19.6 14500 9700 69 3 3 0.01 11.4 6.3 35 1.07
KL42-06 146.3 149.4 0.0218 218 0.08 7.6 5100 3200 53 2 1 0.01 6.8 3.0 34 0.51
KL42-06 149.4 152.4 0.0102 102 0.04 2.5 2420 1290 35 2 0.01 0.01 4 1.1 30 0.31
KL42-06 152.4 155.9 0.0033 33 0.04 1.4 1380 590 26 0.01 0.01 0.01 3.3 1.3 27 0.24
KL42-06 155.9 158.4 0.004 40 0.13 2.8 2500 800 20 4 0.01 0.01 5.5 3.8 28 0.39
KL42-06 158.4 161.4 0.0063 63 0.09 2.5 1380 530 15 5 0.01 0.01 7.2 2.5 23 0.27
KL42-06 161.4 164.3 0.0203 203 0.27 1.8 860 370 22 2 0.01 0.01 4.1 2.6 31 0.1
KL42-06 164.3 167.4 0.0072 72 0.14 1.6 910 298 24 3 0.01 0.01 7.1 3.3 28 0.25
KL42-06 167.4 170.4 0.0073 73 0.17 1.4 950 365 27 2 0.01 0.01 8.1 2.0 29 0.51
KL42-06 170.4 173.4 0.0081 81 0.17 1.9 1500 590 19 4 0.01 0.01 4.7 2.0 19 0.84
KL42-06 173.4 176.9 0.39 3900 0.21 2.6 990 670 43 3 3 0.01 10.7 3.0 19 0.27
KL42-06 176.9 180.1 0.0345 345 0.12 19.5 9900 13900 33 3 0.01 0.01 55 19.0 14 2.16
KL42-06 180.1 183.1 0.016 160 0.11 2.8 1880 1490 6 2 0.01 0.01 10.5 3.0 14 0.57
KL42-06 183.1 185.1 0.0086 86 0.1 0.01 540 355 4 2 0.01 0.01 4.2 1.0 12 0.23
KL42-06 185.1 188.2 0.0037 37 0.09 0.01 140 94 3 2 0.01 0.01 1.2 1.1 13 0.01
KL42-06 188.2 191.3 0.0038 38 0.11 0.5 610 231 10 3 0.01 0.01 2.7 1.1 26 0.21
KL42-06 191.3 193.8 0.003 30 0.09 0.6 271 104 4 3 0.01 0.01 1.8 1.0 26 0.01
KL42-06 193.8 197.4 0.0021 21 0.06 1.2 580 205 8 3 0.01 0.01 3.2 1.5 28 0.01
KL42-06 197.4 200.4 0.0049 49 0.07 4.1 4300 3640 23 4 0.01 0.01 5.3 34.2 18 0.01
KL42-06 200.4 203.1 0.0026 26 0.08 1.5 1630 890 11 2 0.01 0.01 2.4 9.1 17 0.01
KL42-06 203.1 206.2 0.0025 25 0.06 1.1 690 292 9 3 0.01 0.01 1.3 3.5 22 0.01
KL42-06 206.2 209.3 0.0299 299 0.04 0.9 295 128 8 4 0.01 0.01 1 0.9 18 0.01
KL42-06 209.3 212.4 0.004 40 0.03 0.8 230 122 4 2 0.01 0.01 0.8 2.0 20 0.01
KL42-06 212.4 215.4 0.0029 29 0.05 1 520 285 7 2 0.01 0.01 1.2 4.0 24 0.01
KL42-06 215.4 218.4 0.0036 36 0.03 1.1 143 85 2 3 0.01 0.01 0.7 1.6 21 0.01
KL42-06 218.4 221.4 0.0023 23 0.09 1.8 670 280 10 3 0.01 0.01 3.5 2.3 23 0.01
KL42-06 221.4 224.4 0.0041 41 0.22 4.1 2700 890 19 3 0.01 3 11.3 5.5 32 0.3
KL42-06 224.4 227.4 0.0087 87 0.2 5.2 3100 1450 20 2 0.01 4 12.3 5.5 31 0.33
KL42-06 227.4 230.4 0.0115 115 0.29 8.1 5180 2300 31 3 1 2 9.6 5.8 32 0.43
KL42-06 230.4 233.4 0.059 590 0.69 56 39000 17800 180 4 10 0.01 58 26.0 48 2.44
KL42-06 233.4 236.4 0.0065 65 0.14 18 15300 5900 23 3 1 0.01 18.3 9.3 21 0.91
KL42-06 236.4 239.4 0.0028 28 0.03 1 318 154 5 2 0.01 0.01 1.7 3.5 23 0.12
KL42-06 239.4 242.4 0.0035 35 0.11 1.8 1080 480 18 5 0.01 0.01 2.7 9.5 21 0.1
KL42-06 242.4 244.9 0.42 4200 0.24 9 179 223 1300 9 33 4 28 7.3 34 0.5
KL42-06 244.9 247.9 12.02 120200 1.26 110 4000 4800 29000 20 650 0.01 310 80.0 220 8.45
KL42-06 247.9 250.9 12.61 126100 1.4 99 14400 14000 9200 16 765 0.01 95 125.0 233 12
KL42-06 250.9 253.9 0.65 6500 0.77 76 69000 107400 1960 11 105 0.01 95 273.0 186 5.82
KL42-06 253.9 256.4 0.34 3400 1.37 132 139000 135000 1100 8 38 0.01 135 131.0 144 8.96
KL42-06 256.4 259.4 0.054 540 0.2 9.1 5800 6800 140 5 3 0.01 11.2 12.7 33 0.64



Appendix V - 367 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-06 259.4 262.4 0.0204 204 0.02 0.6 510 430 42 5 2 0.01 2.1 2.5 31 0.12
KL42-06 262.4 265.4 0.0342 342 0.02 0.01 178 128 32 4 1 0.01 1.1 2.5 36 0.01
KL42-06 265.4 268.4 0.0207 207 0.04 0.6 189 167 28 10 2 0.01 2.2 3.4 42 0.1
KL42-06 268.4 270.4 0.22 2200 0.09 3 223 152 75 8 3 0.01 6.4 3.8 67 0.16
KL42-06 270.4 272.5 0.127 1270 0.58 2.1 228 284 40 10 3 3 3.6 5.0 60 0.01
KL42-06 272.5 275.5 0.54 5400 0.37 14.2 3500 6500 200 36 12 6 6.8 30.0 119 0.44
KL42-06 275.5 278.5 0.215 2150 0.62 16.2 6250 11000 48 23 26 3 2.5 52.8 84 0.3
KL42-06 278.5 281.5 0.63 6300 0.49 10.8 1260 580 120 31 5 4 1.5 15.0 117 0.68
KL42-06 281.5 284.5 0.62 6200 0.77 30.3 13000 22100 160 28 5 4 24 19.5 61 1.42
KL42-06 284.5 287.7 0.82 8200 1.17 2 1080 252 130 16 0.01 6 5.2 15.5 53 0.17
KL42-06 287.7 290.7 0.5 5000 0.84 1.5 289 162 26 5 1 11 2 5.3 41 0.01
KL42-06 290.7 293.7 0.3 3000 0.39 2.7 353 180 290 41 4 4 19.7 7.5 117 0.11
KL42-06 293.7 296.7 0.146 1460 0.16 2 1120 460 180 31 1 3 22 8.3 126 0.14
KL42-06 296.7 299.7 0.0338 338 0.05 0.8 385 138 65 27 2 2 6 2.3 61 0.01
KL42-06 299.7 301.8 0.164 1640 0.14 2 740 295 530 35 2 0.01 30 8.5 91 0.14
KL42-06 301.8 304.8 1.44 14400 1.44 31.8 4200 4300 1020 153 52 12 76 75.5 200 0.62
KL42-06 304.8 307.8 0.74 7400 1.62 22.3 570 422 720 6 32 5 90 13.8 141 0.34
KL42-06 307.8 310.8 1.38 13800 0.92 19.8 211 267 1760 12 75 25 416 41.0 179 0.72
KL42-06 310.8 313.8 0.98 9800 0.36 13.4 85 135 1500 50 155 5 98 11.3 268 0.4
KL42-06 313.8 316.8 0.6 6000 0.41 3.3 167 224 740 122 9 9 64 14.8 292 0.13
KL42-06 316.8 319.8 0.65 6500 0.61 16.9 10600 14700 380 298 4 6 56 19.7 278 1
KL42-06 319.8 322.8 0.252 2520 0.36 1.6 116 134 130 133 3 5 26 9.3 252 0.01
KL42-06 322.8 325.8 0.38 3800 0.34 2.1 172 172 260 278 13 5 66 13.3 145 0.12
KL42-06 325.8 328.8 0.123 1230 0.24 0.8 209 129 88 179 2 7 20 7.3 126 0.01
KL42-06 328.8 331.8 0.845 8450 0.43 4.3 960 192 180 153 7 3 60 8.5 218 0.15
KL42-06 331.8 334.8 0.39 3900 0.26 2.4 810 137 110 96 6 0.01 30 5.5 227 0.13
KL42-06 334.8 337.8 0.201 2010 0.34 1.9 369 109 81 101 7 3 22 5.3 301 0.12
KL42-06 337.8 340.8 2.04 20400 0.43 5.7 430 144 89 150 4 5 26 12.0 361 0.15
KL42-06 340.8 343.8 0.36 3600 0.42 4.1 307 155 360 221 5 6 54 12.0 192 0.01
KL42-06 343.8 346.8 1.02 10200 0.46 5.8 241 147 1200 279 6 4 205 12.0 230 0.12
KL42-06 346.8 349.8 0.223 2230 0.29 1.4 186 76 120 230 3 4 30 5.6 316 0.1
KL42-06 349.8 352.8 0.82 8200 0.28 1.7 149 59 250 191 3 3 38 6.1 192 0.01
KL42-06 352.8 355.8 0.25 2500 0.44 2.1 640 128 220 178 3 4 44 12.5 284 0.1
KL42-06 355.8 358.8 0.193 1930 0.38 2.4 398 770 200 249 4 6 32 12.5 176 0.13
KL42-06 358.8 361.8 0.27 2700 0.94 2.3 280 228 280 328 5 11 52 19.2 287 0.12
KL42-06 361.8 364.8 0.25 2500 0.88 2.2 750 204 72 365 5 13 26 17.3 223 0.16
KL42-06 364.8 367.8 0.41 4100 0.81 2 194 102 73 645 5 28 14.1 13.4 251 0.12
KL42-06 367.8 370.8 0.214 2140 0.39 2.6 780 640 68 252 4 12 10.1 7.3 194 0.11
KL42-06 370.8 373.8 0.056 560 0.26 2.7 372 355 20 6 9 19 2.6 12.5 27 0.01
KL42-06 373.8 376.8 0.151 1510 0.33 1.6 84 230 26 25 6 16 3.7 8.5 73 0.01
KL42-06 376.8 379.8 0.159 1590 0.6 2.2 95 520 37 21 6 18 12.1 11.8 51 0.01
KL42-06 379.8 382.8 0.094 940 0.4 2.7 58 63 33 12 26 17 4.8 16.5 43 0.01
KL42-06 382.8 385.8 0.0179 179 0.54 3 203 76 13 8 2 20 3.2 8.8 21 0.01
KL42-06 385.8 388.8 0.0195 195 0.25 1.9 381 199 17 9 0.01 20 2.4 8.0 20 0.01
KL42-06 388.8 389.4 0.0122 122 0.12 1.4 117 92 11 10 0.01 19 1.7 3.4 35 0.01
KL42-06 389.4 391.8 0.0259 259 0.08 1.1 81 35 13 9 0.01 19 1.6 2.0 42 0.01
KL42-06 391.8 394.8 0.0138 138 0.02 0.01 69 18 14 6 0.01 27 1.2 1.6 34 0.01
KL42-06 394.8 397.8 0.0129 129 0.02 0.5 141 27 18 6 0.01 26 1.5 0.7 33 0.01
KL42-06 397.8 400.8 0.027 270 0.06 0.8 107 62 29 10 0.01 26 1.8 1.3 33 0.01
KL42-06 400.8 403.8 0.0168 168 0.06 0.01 84 23 10 2 0.01 20 1.4 0.9 34 0.01
KL42-06 403.8 406.8 0.509 5090 0.48 22.3 5800 2940 200 50 5 20 29 5.5 93 0.61
KL42-06 406.8 408.1 1.1 11000 0.76 29.5 2900 1680 320 82 28 19 29 34.0 278 0.31
KL42-06 408.1 409.8 1.13 11300 0.6 22.8 1930 1590 92 111 37 14 18.8 21.5 180 0.22
KL42-06 409.8 412.8 0.75 7500 0.53 13.4 5500 1830 71 29 7 10 12.5 9.3 96 0.29
KL42-06 412.8 415.8 3.29 32900 1.84 54 1760 1360 280 31 73 31 70 35.0 139 0.47
KL42-06 415.8 418.8 0.37 3700 0.16 3.6 950 201 32 18 2 4 10.1 8.8 12 0.01
KL42-06 418.8 420.6 1.24 12400 0.49 7.7 3300 1350 48 13 5 16 16.2 12.0 16 0.2
KL42-06 420.6 423.6 1.01 10100 0.21 6.6 3100 330 19 13 15 46 7.2 9.3 21 0.13
KL42-06 423.6 426.6 2.04 20400 0.64 5.5 10100 1150 150 60 14 32 12.7 14.0 28 0.31
KL42-06 426.6 429.6 1.37 13700 1.3 4 32700 45800 72 16 11 12 33 12.0 59 0.44
KL42-06 429.6 432.6 2.22 22200 0.92 4.9 10000 8700 58 47 9 13 19.5 15.0 48 0.18
KL42-06 432.6 435.6 1.28 12800 0.8 6.4 5400 11100 43 15 4 19 20 7.0 36 0.32
KL42-06 435.6 438.6 0.73 7300 0.44 5.2 3200 1030 45 14 24 14 14 5.0 27 0.01



Appendix V - 368 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-06 438.6 441.6 1.2 12000 0.99 6.1 1310 1950 37 14 16 13 16 13.3 39 0.01
KL42-06 441.6 444.6 1.43 14300 1.22 11.2 3200 350 74 17 5 12 16.8 10.5 31 0.01
KL42-06 444.6 447.6 2.05 20500 1.36 5.1 1710 690 22 24 7 14 19.5 22.0 35 0.01
KL42-06 447.6 450.6 1.28 12800 0.6 4.7 770 1160 21 154 6 11 13.5 12.0 31 0.01
KL42-06 450.6 453.6 1.9 19000 0.36 3.4 282 201 4 33 3 17 3.7 10.5 36 0.01
KL42-06 453.6 456.6 3.44 34400 0.28 3.8 247 49 1 94 5 46 3.4 14.0 26 0.01
KL42-06 456.6 459.6 2.69 26900 0.44 6.3 620 670 7 61 31 32 4 12.0 21 0.01
KL42-06 459.6 462.6 1.27 12700 0.22 1.4 189 41 2 41 6 34 2.7 5.5 27 0.01
KL42-06 462.6 465.6 3.7 37000 1.22 3.6 246 35 1 15 6 33 0.8 8.0 18 0.01
KL42-06 465.6 468.6 1.01 10100 0.41 1.3 362 12 10 87 2 15 0.7 7.5 52 0.01
KL42-06 468.6 471.6 0.42 4200 0.2 0.8 131 37 5 111 0.01 6 2.2 4.3 100 0.01
KL42-06 471.6 474.6 0.223 2230 0.1 0.7 52 28 3 165 0.01 3 2.7 3.5 44 0.01
KL42-06 474.6 477.6 0.193 1930 0.08 0.01 47 9 2 35 0.01 2 0.3 0.9 44 0.01
KL42-06 477.6 480.6 0.085 850 0.06 0.01 48 10 1 70 0.01 3 0.2 1.5 11 0.01
KL42-06 480.6 483.6 0.13 1300 0.07 0.01 54 14 2 84 0.01 0.01 0.3 0.8 19 0.01
KL42-06 483.6 485.5 0.139 1390 0.13 0.01 60 30 2 63 0.01 4 0.3 1.7 53 0.01
KL42-06 485.5 487.6 1.9 19000 1.41 2.1 105 18 5 21 0.01 35 1.1 10.5 44 0.01
KL42-06 487.6 490.6 1.84 18400 0.85 2 150 14 3 10 0.01 39 1.9 14.5 31 0.01
KL42-06 490.6 493.6 1.18 11800 0.74 1.4 135 115 1 18 0.01 18 0.7 8.0 42 0.01
KL42-06 493.6 495.9 0.89 8900 0.46 1 58 38 6 41 0.01 13 0.5 6.0 32 0.01
KL42-06 495.9 497.9 1.05 10500 0.53 2.1 144 92 380 81 12 18 60 11.5 40 0.12
KL42-06 497.9 500.4 0.33 3300 0.16 0.01 147 48 37 39 2 7 3.7 5.0 31 0.01
KL42-06 500.4 502.9 0.224 2240 0.17 0.01 316 145 10 180 0.01 9 1 3.5 66 0.01
KL42-06 502.9 505.9 1.93 19300 1.15 1.9 2890 49 6 254 1 87 1 15.5 82 0.01
KL42-06 505.9 508.9 1.14 11400 0.69 1.1 162 26 2 6 1 46 0.5 13.5 62 0.01
KL42-06 508.9 511.9 2.34 23400 1.51 7.1 124 97 7 12 6 45 7.8 25.5 88 0.71
KL42-06 511.9 514.9 0.528 5280 0.25 0.7 43 9 0.01 7 0.01 24 1 3.3 28 0.01
KL42-06 514.9 515.5 0.335 3350 0.12 0.01 67 33 1 15 0.01 22 0.01 2.8 54 0.01
KL42-06 515.5 518.5 0.2 2000 0.07 0.01 32 19 28 45 1 6 2.1 2.8 91 0.01
KL42-06 518.5 521.5 0.151 1510 0.08 1.2 30 25 18 145 4 3 12.5 3.5 119 0.01
KL42-06 521.5 524.5 0.162 1620 0.09 1.4 26 14 26 87 2 5 7.3 5.1 145 0.01
KL42-06 524.5 527.5 0.107 1070 0.08 0.8 25 9 66 47 1 4 11.5 3.8 58 0.01
KL42-06 527.5 530.5 0.0317 317 0.07 0.01 19 9 29 34 1 6 3.5 3.9 127 0.01
KL42-06 530.5 533.5 0.078 780 0.08 1.1 22 35 34 68 3 6 4.4 3.5 85 0.01
KL42-06 533.5 536.5 0.0134 134 0.03 0.01 17 11 7 64 0.01 5 0.6 3.9 61 0.01
KL42-06 536.5 539.5 0.0255 255 0.04 0.01 14 7 20 68 0.01 5 2 2.5 141 0.01
KL42-06 539.5 542.5 0.084 840 0.05 0.01 13 8 33 72 0.01 4 3.3 1.8 181 0.01
KL42-06 542.5 545.5 0.0289 289 0.03 0.01 64 60 26 36 1 2 2.8 2.0 151 0.01
KL42-06 545.5 548.5 0.0214 214 0.03 0.01 17 13 13 52 0.01 3 2.3 2.1 204 0.01
KL42-06 548.5 551.5 0.076 760 0.03 0.01 14 13 12 40 0.01 2 2.4 2.5 67 0.01
KL42-06 551.5 554.5 0.037 370 0.02 0.01 16 9 12 62 0.01 4 0.9 2.0 209 0.01
KL42-06 554.5 557.5 0.045 450 0.03 0.01 23 12 8 51 1 3 1.1 2.4 236 0.01
KL42-06 557.5 560.5 0.051 510 0.03 0.01 11 8 14 160 0.01 2 1.4 1.2 179 0.01
KL42-06 560.5 563.5 0.073 730 0.03 0.01 12 14 11 231 0.01 4 1.3 1.9 57 0.01
KL42-06 563.5 566.5 0.0284 284 0.02 0.01 15 9 7 72 0.01 5 1.2 2.9 158 0.01
KL42-06 566.5 569.5 0.0354 354 0.04 0.01 21 10 19 52 0.01 3 1.4 2.5 137 0.01
KL42-06 569.5 572.5 0.048 480 0.03 0.01 17 9 20 98 0.01 8 1.9 1.9 160 0.01
KL42-06 572.5 575.5 0.0262 262 0.02 0.01 14 10 12 63 0.01 5 1 2.3 235 0.01
KL42-06 575.5 578.5 0.048 480 0.03 0.01 35 14 9 106 0.01 8 1.4 2.1 67 0.01
KL42-06 578.5 581.5 0.0341 341 0.03 0.01 8 8 7 136 0.01 4 1.1 1.6 50 0.01
KL42-06 581.5 584.5 0.022 220 0.01 0.01 35 252 7 56 0.01 8 0.9 2.0 34 0.01
KL42-06 584.5 587.5 0.0084 84 0.02 0.01 17 14 2 114 0.01 6 0.3 1.1 242 0.01
KL42-06 587.5 590.5 0.0158 158 0.02 0.01 273 128 27 81 0.01 10 1.5 3.6 167 0.01
KL42-06 590.5 593.5 0.0151 151 0.02 0.01 26 13 28 79 0.01 3 3.1 1.2 198 0.01
KL42-06 593.5 596.5 0.076 760 0.03 0.01 14 14 47 133 0.01 2 5.3 1.6 56 0.01
KL42-06 596.5 599.6 0.054 540 0.03 0.01 15 11 53 109 0.01 3 3.5 0.8 51 0.01
KL42-06 599.6 602.7 0.0191 191 0.01 0.01 20 19 8 36 0.01 6 0.5 2.8 26 0.01
KL42-06 602.7 605.9 0.0202 202 0.01 0.01 15 9 7 13 0.01 4 0.5 1.7 35 0.01
KL42-06 605.9 609 0.062 620 0.05 0.01 22 11 32 450 0.01 3 2.2 2.2 231 0.01
KL42-06 609 612 0.0229 229 0.01 0.01 20 9 14 231 0.01 0.01 1.2 1.2 30 0.01
KL42-06 612 615 0.167 1670 0.03 0.9 52 32 120 34 1 3 8.6 2.0 205 0.01
KL42-06 615 618.2 0.66 6600 0.07 3.1 162 365 2200 34 2 6 207 2.5 252 0.1
KL42-06 618.2 621.5 0.2 2000 0.06 1.4 33 40 620 47 2 3 46 4.0 210 0.01



Appendix V - 369 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-06 621.5 624.3 0.119 1190 0.03 2 36 25 290 76 2 0.01 26 2.1 226 0.01
KL42-06 624.3 627.3 0.202 2020 0.04 1.7 126 93 230 42 2 0.01 19.5 1.9 236 0.01
KL42-06 627.3 630.3 0.144 1440 0.07 1.1 110 61 5 27 1 0.01 1.3 1.4 29 0.01
KL42-06 630.3 633.3 0.0281 281 0.01 0.01 53 33 4 65 1 0.01 0.3 1.8 23 0.01
KL42-06 633.3 636.3 0.079 790 0.02 0.6 147 56 16 42 1 2 1.8 2.0 245 0.01
KL42-06 636.3 639.3 0.054 540 0.01 0.01 75 48 17 23 1 4 1.2 2.3 12 0.01
KL42-06 639.3 642.3 0.089 890 0.01 0.9 66 36 10 35 2 3 2.1 1.2 10 0.01
KL42-06 642.3 645.3 0.131 1310 0.01 0.9 181 92 55 44 2 3 3 1.9 229 0.01
KL42-06 645.3 648.3 0.088 880 0.03 0.01 114 33 110 79 2 0.01 6.8 2.5 15 0.01
KL42-06 648.3 651.3 0.054 540 0.05 0.01 168 51 27 117 1 3 3.1 7.9 10 0.01
KL42-06 651.3 654.3 0.031 310 0.01 0.01 104 25 15 40 1 6 1.5 5.0 14 0.01
KL42-06 654.3 656.7 0.126 1260 0.02 0.01 71 29 24 101 2 0.01 0.8 1.8 8 0.01
KL42-06 656.7 659.7 0.018 180 0.01 0.01 26 10 15 106 0.01 0.01 1 1.5 24 0.01
KL42-06 659.7 662.7 0.0266 266 0.05 0.01 45 12 31 28 1 5 2.5 8.8 27 0.01
KL42-06 662.7 665.7 0.0319 319 0.02 0.01 27 12 44 50 0.01 2 1.9 0.5 174 0.01
KL42-06 665.7 668.7 0.0127 127 0.02 0.01 42 19 18 236 0.01 3 1.2 1.4 284 0.01
KL42-06 668.7 671.7 0.0243 243 0.01 0.01 69 21 7 73 0.01 3 0.6 1.0 260 0.01
KL42-06 671.7 674.7 0.073 730 0.04 0.01 50 13 8 55 2 0.01 1 4.3 177 0.01
KL42-06 674.7 677.7 0.0203 203 0.02 0.01 130 12 8 192 0.01 0.01 0.4 2.0 140 0.01
KL42-06 677.7 680.7 0.0145 145 0.02 0.01 80 14 7 37 0.01 0.01 0.5 1.8 160 0.01
KL42-06 680.7 683.7 0.0301 301 0.02 0.01 185 11 10 37 0.01 0.01 0.7 1.3 247 0.01
KL42-06 683.7 686.7 0.073 730 0.02 0.01 19 14 4 47 1 2 0.5 1.8 139 0.01
KL42-06 686.7 689.7 0.083 830 0.03 0.01 57 35 19 25 1 0.01 0.5 1.5 192 0.01
KL42-06 689.7 692.7 0.066 660 0.04 0.8 208 76 29 20 1 0.01 0.9 2.0 126 0.01
KL42-06 692.7 695.7 0.088 880 0.04 0.01 117 59 160 62 1 4 1.9 1.8 124 0.01
KL42-06 695.7 698.7 0.0225 225 0.06 0.01 209 86 39 78 1 5 1.5 3.3 207 0.01
KL42-06 698.7 701.7 0.165 1650 0.04 1 420 178 76 56 1 2 1 2.5 174 0.01
KL42-06 701.7 704.7 0.102 1020 0.03 0.9 48 37 160 40 1 4 0.9 1.8 117 0.01
KL42-06 704.7 707.7 0.057 570 0.04 0.01 125 45 100 61 1 6 2.2 3.0 152 0.01
KL42-06 707.7 710.7 0.13 1300 0.05 0.6 80 31 56 54 1 3 1.7 2.9 118 0.01
KL42-06 710.7 713.7 0.276 2760 0.11 1.1 177 47 650 45 2 4 12.5 2.0 166 0.01
KL42-06 713.7 716.7 0.21 2100 0.08 1.1 224 111 240 23 2 8 10.4 9.3 155 0.01
KL42-06 716.7 719.7 0.175 1750 0.03 0.9 51 31 18 30 1 2 0.8 1.7 123 0.01
KL42-06 719.7 722.7 0.113 1130 0.01 0.01 34 19 3 27 0.01 0.01 0.2 2.0 178 0.01
KL42-06 722.7 725.7 0.151 1510 0.03 1.1 98 41 80 47 1 2 2.3 2.4 143 0.01
KL42-06 725.7 728.7 0.176 1760 0.02 1 78 31 69 26 1 0.01 2.5 2.5 99 0.01
KL42-06 728.7 731.7 0.121 1210 0.02 0.7 66 24 15 28 1 0.01 0.8 1.4 99 0.01
KL42-06 731.7 734.7 0.138 1380 0.02 0.7 38 15 9 61 1 0.01 0.3 3.0 109 0.01
KL42-06 734.7 737.7 0.264 2640 0.06 1 54 44 47 79 1 0.01 1.8 1.9 90 0.01
KL42-06 737.7 740.7 0.091 910 0.03 0.01 24 11 5 32 1 3 0.3 2.3 193 0.01
KL42-06 740.7 743.7 0.118 1180 0.02 0.01 21 15 5 32 2 2 0.6 3.2 86 0.01
KL42-06 743.7 746.7 0.171 1710 0.04 0.8 19 10 2 15 1 2 0.2 2.0 144 0.01
KL42-06 746.7 749.7 0.108 1080 0.04 0.01 210 62 3 23 1 0.01 0.5 2.0 125 0.01
KL42-06 749.7 752.7 0.119 1190 0.02 0.01 78 66 27 17 1 0.01 0.4 1.9 161 0.01
KL42-06 752.7 755.7 0.2 2000 0.04 1 61 28 3 15 1 0.01 0.7 2.8 119 0.01
KL42-06 755.7 758.7 0.427 4270 0.06 1.1 22 22 120 20 2 0.01 0.3 1.6 98 0.01
KL42-06 758.7 761.7 0.062 620 0.02 0.01 39 23 17 12 0.01 0.01 0.9 1.6 106 0.01
KL42-06 761.7 764.7 0.101 1010 0.02 0.01 40 20 2 14 0.01 0.01 0.2 1.0 203 0.01
KL42-06 764.7 767.7 0.103 1030 0.02 0.6 43 30 3 11 1 0.01 0.3 1.8 134 0.01
KL42-06 767.7 770.7 0.095 950 0.01 0.7 42 20 4 6 0.01 0.01 0.2 1.6 177 0.01
KL42-06 770.7 774.3 0.124 1240 0.03 0.8 119 42 150 35 1 0.01 9.3 2.1 147 0.01
KL42-07 0 2.6 0.0087 87 0.02 0.01 197 138 20 56 0.01 0.01 5.1 1.5 29 0.01
KL42-07 2.6 5.6 0.0084 84 0.01 0.01 146 79 11 7 0.01 0.01 4 1.2 13 0.01
KL42-07 5.6 8.6 0.0138 138 0.05 0.7 231 98 22 8 0.01 0.01 2.9 1.9 14 0.01
KL42-07 8.6 10.9 0.0094 94 0.02 0.9 520 139 35 23 2 0.01 3.4 1.4 16 0.01
KL42-07 10.9 14 0.0024 24 0.04 0.8 203 63 21 10 0.01 0.01 3.6 2.1 16 0.01
KL42-07 14 17.1 0.0009 9 0.09 0.6 77 48 9 4 0.01 0.01 1.5 1.5 15 0.11
KL42-07 17.1 20.2 0.0023 23 0.02 0.7 60 52 11 3 0.01 2 1.2 1.2 23 0.01
KL42-07 20.2 23.3 0.0331 331 0.04 1.1 330 149 88 43 3 0.01 12 2.4 30 0.16
KL42-07 23.3 26.4 0.012 120 0.01 0.01 36 27 10 4 0.01 3 1.1 0.9 40 0.01
KL42-07 26.4 29.5 0.0034 34 0.04 0.6 89 72 14 3 0.01 0.01 2 1.2 21 0.01
KL42-07 29.5 32.6 0.0128 128 0.04 0.9 122 68 11 2 0.01 2 1.8 0.8 42 0.14
KL42-07 32.6 35.6 0.0076 76 0.02 1 85 61 15 3 0.01 0.01 1.9 1.5 32 0.01



Appendix V - 370 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-07 35.6 38.6 0.006 60 0.01 0.7 85 63 18 8 0.01 2 2.5 2.4 24 0.01
KL42-07 38.6 41.6 0.0034 34 0.01 0.6 96 68 14 10 0.01 3 2 2.6 22 0.01
KL42-07 41.6 44.6 0.0208 208 0.01 1.3 285 143 31 104 2 2 3.2 3.1 37 0.01
KL42-07 44.6 47.6 0.0123 123 0.02 2.5 283 670 34 34 0.01 0.01 5.2 6.3 23 0.12
KL42-07 47.6 50.6 0.002 20 0.01 0.7 42 54 7 0.01 0.01 0.01 2.1 0.9 19 0.01
KL42-07 50.6 53.6 0.0053 53 0.01 0.01 46 54 6 0.01 0.01 0.01 1 1.0 26 0.01
KL42-07 53.6 56.6 0.0034 34 0.02 0.01 79 37 2 3 0.01 2 1.2 1.9 19 0.01
KL42-07 56.6 57.6 0.0074 74 0.03 0.01 53 27 7 4 0.01 0.01 1.1 2.3 23 0.01
KL42-07 57.6 59.6 0.0025 25 0.03 0.01 48 25 10 12 0.01 0.01 0.7 1.5 21 0.01
KL42-07 59.6 62.6 0.0016 16 0.1 0.01 45 34 19 114 0.01 0.01 1.3 1.9 32 0.01
KL42-07 62.6 65.6 0.0117 117 0.07 0.01 91 56 17 10 0.01 0.01 2.1 2.0 20 0.01
KL42-07 65.6 68.6 0.003 30 0.03 0.01 65 39 13 4 0.01 0.01 1.2 2.4 29 0.01
KL42-07 68.6 71.6 0.0109 109 0.06 2.4 265 450 69 9 5 3 2.6 5.9 29 0.01
KL42-07 71.6 74.6 0.0195 195 0.03 0.6 124 73 23 9 2 2 2 2.4 24 0.12
KL42-07 74.6 77.6 0.005 50 0.03 0.01 250 86 38 10 0.01 0.01 8.7 1.7 24 0.01
KL42-07 77.6 80.6 0.033 330 0.05 0.5 174 107 58 23 1 0.01 2.3 3.7 34 0.01
KL42-07 80.6 83.6 0.052 520 0.2 3.7 4610 2980 120 11 11 5 4.2 20.8 51 0.01
KL42-07 83.6 86.6 0.0245 245 0.04 0.7 460 206 42 30 0.01 0.01 1.8 2.5 22 0.01
KL42-07 86.6 89.6 0.0108 108 0.04 1 470 214 71 28 4 2 6.1 4.4 29 0.01
KL42-07 89.6 92.6 0.07 700 0.12 0.9 630 244 80 167 3 4 6.5 4.4 56 0.01
KL42-07 92.6 94.3 0.0161 161 0.05 0.01 120 36 43 55 0.01 0.01 3.9 1.3 51 0.01
KL42-07 94.3 96.5 0.0167 167 0.02 0.01 190 64 32 220 3 3 2 1.6 36 0.01
KL42-07 96.5 98.6 0.0266 266 0.05 0.01 580 96 51 210 1 4 4.1 2.0 65 0.01
KL42-07 98.6 101.6 0.042 420 0.06 1.9 3380 331 100 103 17 2 3.4 4.5 40 0.01
KL42-07 101.6 103 0.058 580 0.1 2.1 860 430 94 420 5 3 4.9 5.7 74 0.1
KL42-07 103 104.6 0.0425 425 0.08 1.6 950 401 83 397 6 4 2.6 3.4 25 0.01
KL42-07 104.6 107.6 0.006 60 0.03 0.8 430 180 60 620 5 0.01 2.2 2.5 28 0.01
KL42-07 107.6 110.6 0.006 60 0.47 1.4 560 383 200 3700 24 3 12 13.5 99 0.15
KL42-07 110.6 113.6 0.0186 186 0.19 1.3 1180 261 200 890 5 0.01 3.9 3.7 88 0.01
KL42-07 113.6 116.6 0.0053 53 0.39 3.4 418 302 280 750 24 0.01 7.1 7.8 51 0.01
KL42-07 116.6 119.6 0.071 710 0.31 10.5 1220 880 230 1530 72 6 7.4 6.8 45 0.1
KL42-07 119.6 122.6 0.0209 209 0.39 10.6 1160 1310 290 1920 42 3 9.6 9.3 38 0.1
KL42-07 122.6 125.6 0.045 450 0.44 6.1 2970 1860 370 700 28 8 7.5 11.2 25 0.25
KL42-07 125.6 128.3 0.103 1030 0.35 5.5 3400 1280 320 398 56 9 8.8 8.5 39 0.12
KL42-07 128.3 131 0.262 2620 0.25 4.2 4230 580 310 95 13 11 13 6.8 35 0.21
KL42-07 131 133.5 0.339 3390 0.37 7.2 3820 1310 1240 419 36 11 115 13.0 30 1.26
KL42-07 133.5 135 0.6 6000 0.39 10.8 6010 2060 2400 765 95 24 42 10.5 38 0.61
KL42-07 135 137.7 0.0145 145 0.05 1.6 2740 890 62 55 1 3 2.2 3.4 19 0.19
KL42-07 137.7 140.6 0.0124 124 0.04 0.7 810 269 31 45 4 0.01 1.8 2.0 23 0.01
KL42-07 140.6 143.6 0.0145 145 0.09 1.2 1430 810 41 65 3 0.01 1.6 3.8 26 0.01
KL42-07 143.6 145.8 0.0152 152 0.04 0.6 1300 580 38 42 2 0.01 3.1 2.0 23 0.01
KL42-07 145.8 148.5 0.0265 265 0.07 1.2 900 359 41 27 4 0.01 1.2 3.3 26 0.01
KL42-07 148.5 150.1 0.169 1690 0.21 8.7 14800 1450 550 225 68 7 15.5 18.3 34 0.23
KL42-07 150.1 152.9 0.028 280 0.05 1.3 1100 440 63 79 4 2 0.4 3.3 26 0.01
KL42-07 152.9 155.9 0.111 1110 0.13 1.6 800 262 40 140 6 4 1.3 2.5 44 0.01
KL42-07 155.9 158.6 0.42 4200 0.89 28 24900 6700 670 363 58 22 7.4 37.0 131 0.01
KL42-07 158.6 160 0.69 6900 0.45 13.6 17700 3500 1900 367 26 22 12.9 18.0 34 0.1
KL42-07 160 163 0.56 5600 0.47 9 36900 4000 970 393 21 28 12.3 23.0 32 0.1
KL42-07 163 166 1.5 15000 1.46 16.9 41300 4500 3800 170 21 70 19.6 35.5 29 0.01
KL42-07 166 169.1 4.32 43200 2.06 63 84700 11700 6300 215 35 147 29.8 72.5 53 0.01
KL42-07 169.1 170.8 1.82 18200 1.6 23 57000 940 1670 2015 105 98 4.5 97.0 88 0.01
KL42-07 170.8 173.6 1.08 10800 1.16 5.6 2800 460 850 452 33 26 6.5 40.0 44 0.01
KL42-07 173.6 176.6 0.376 3760 0.69 7 3470 2280 110 7235 22 28 6 25.0 32 0.01
KL42-07 176.6 179.6 1.29 12900 1.3 10.8 39500 480 200 2280 31 65 10.8 35.0 66 0.01
KL42-07 179.6 182.4 0.86 8600 1.08 5.3 3000 510 120 784 27 27 5.5 32.0 54 0.11
KL42-07 182.4 183.4 1.62 16200 0.98 18.1 30200 1620 160 165 19 33 5.5 40.0 63 0.16
KL42-07 183.4 188.5 1.3 13000 0.92 12.5 56000 550 130 176 31 78 6.3 55.0 58 0.01
KL42-07 188.5 191.6 1.22 12200 1.18 8.9 8900 184 220 147 21 132 8.5 27.0 62 0.4
KL42-07 191.6 193.4 1.2 12000 1.4 14.5 3500 2100 210 61 23 36 7.8 35.0 97 1.62
KL42-07 193.4 194.6 4.24 42400 0.72 8.4 420 108 130 179 21 54 3.7 47.5 81 0.2
KL42-07 194.6 197.6 0.259 2590 0.28 1.2 470 108 61 159 12 37 3.3 34.0 103 0.01
KL42-07 197.6 200.6 0.458 4580 0.41 4.7 650 690 43 378 7 32 4 46.0 44 0.01
KL42-07 200.6 203.6 0.482 4820 0.64 3.6 460 266 73 723 16 33 2 34.0 35 0.01



Appendix V - 371 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-07 203.6 206.6 0.67 6700 0.44 5.4 1290 1010 70 461 12 29 3.5 33.0 74 0.01
KL42-07 206.6 209.1 0.99 9900 0.84 26 3600 3500 120 642 28 16 3.8 31.0 125 0.12
KL42-07 209.1 212.2 1.31 13100 0.68 17.5 3500 2800 130 496 41 9 2.3 13.5 211 0.17
KL42-07 212.2 214.3 2.18 21800 1.78 49 14500 9200 150 448 70 22 6.5 29.0 70 0.97
KL42-07 214.3 217.4 1.27 12700 1.3 74 48000 51900 210 212 218 18 16.4 47.0 162 5.96
KL42-07 217.4 218.6 0.81 8100 0.52 16.9 1450 1120 62 251 20 15 4.5 35.0 167 0.2
KL42-07 218.6 221.6 1.57 15700 1.2 22.5 910 1140 72 235 34 39 6 25.0 76 0.2
KL42-07 221.6 224.6 3.04 30400 1.38 72 2900 14200 240 333 42 38 20.7 37.5 95 0.19
KL42-07 224.6 227.6 1.74 17400 2.06 86 6000 19200 510 376 113 23 23.3 35.0 114 0.13
KL42-07 227.6 230.4 2.21 22100 1.95 55 2070 3800 420 147 48 37 12.3 24.0 84 0.01
KL42-07 230.4 233.5 4.49 44900 1.98 101 8100 14500 240 94 40 51 23.1 32.5 101 0.01
KL42-07 233.5 236.6 3.86 38600 1.92 42 1190 640 370 244 24 57 9.5 40.0 71 0.01
KL42-07 236.6 239 2.52 25200 1.58 33.8 1950 2700 550 201 40 26 9.3 23.0 61 0.15
KL42-07 239 241 1.24 12400 1.07 19.5 1180 1120 300 87 28 18 8 17.0 61 0.12
KL42-07 241 242.6 1.11 11100 1.01 23.6 2500 3200 460 327 38 22 9.8 23.0 69 0.14
KL42-07 242.6 245.6 2.18 21800 1.11 28 2700 3100 820 818 18 26 9.7 22.0 83 0.2
KL42-07 245.6 248.6 1.85 18500 1.6 21.2 780 590 1340 219 22 43 10.6 23.0 125 0.15
KL42-07 248.6 250.8 1.16 11600 1.75 20.2 212 230 1590 36 20 44 11.7 19.0 91 0.01
KL42-07 250.8 253.1 1.32 13200 1.45 26.8 1400 770 2460 95 38 36 13 25.0 59 0.12
KL42-07 253.1 254.6 2.25 22500 2.4 44 2600 5300 1560 234 32 27 18.5 22.5 126 0.01
KL42-07 254.6 257.6 2.16 21600 2.48 39.6 3100 2400 730 222 32 34 9.2 32.0 150 0.01
KL42-07 257.6 260.2 1.74 17400 2.61 23.1 660 410 400 62 34 29 25 31.0 58 0.01
KL42-07 260.2 263 2.34 23400 2.08 26.6 1280 830 310 184 18 59 18.5 31.0 70 0.01
KL42-07 263 266.1 2.93 29300 1.82 23.7 1450 1150 340 306 6 67 5.5 37.0 116 0.01
KL42-07 266.1 268.7 2.24 22400 2.67 26.9 5100 1010 700 156 22 51 6.6 30.0 50 0.17
KL42-07 268.7 271.8 2.8 28000 2.64 24.6 2400 1560 470 210 24 41 6.4 24.0 54 0.22
KL42-07 271.8 274.9 1.99 19900 4.61 20.9 5700 2900 370 154 24 90 6.3 53.5 76 0.23
KL42-07 274.9 278.2 1.12 11200 2.16 7 1330 520 190 339 16 46 7.1 59.0 59 0.12
KL42-07 278.2 281.3 3.45 34500 2.99 10.6 219 139 89 119 24 28 2.8 38.8 86 0.01
KL42-07 281.3 284.4 1.98 19800 2.53 8 520 340 80 213 20 31 2.3 23.0 107 0.01
KL42-07 284.4 287.5 2.17 21700 2.56 17.9 1060 500 110 110 38 26 2.9 29.0 105 0.01
KL42-07 287.5 290.6 2.4 24000 2.53 20.7 1240 560 120 110 64 20 2.3 17.0 133 0.01
KL42-07 290.6 293.6 2.01 20100 3.41 15.8 1360 1070 120 189 55 19 2.5 24.0 120 0.01
KL42-07 293.6 296.6 1.82 18200 2.36 10.6 1040 500 130 94 11 36 3.1 21.0 124 0.01
KL42-07 296.6 299.6 1.33 13300 2.3 4.7 2800 610 86 452 12 32 8.4 15.0 35 0.01
KL42-07 299.6 302.6 1.32 13200 1.96 3.6 910 321 70 143 9 30 3.5 24.5 92 0.01
KL42-07 302.6 305.6 0.95 9500 2.18 4.7 1870 820 210 68 20 46 8.8 19.5 126 0.01
KL42-07 305.6 308.6 1.7 17000 2.32 6.6 1040 660 210 43 6 64 8.9 23.0 48 0.01
KL42-07 308.6 311.6 0.88 8800 1.48 4.7 1950 990 90 42 9 57 3 80.0 104 0.01
KL42-07 311.6 314.6 0.97 9700 1.56 4.7 1560 730 130 31 7 53 7.2 72.0 112 0.01
KL42-07 314.6 319.6 1.03 10300 1.81 6.6 730 328 240 32 9 56 17.1 33.5 69 0.01
KL42-07 319.6 320.6 1.54 15400 1.95 8.3 281 95 66 28 11 42 4.6 20.0 43 0.01
KL42-07 320.6 323.6 1.29 12900 2.21 5.3 337 191 86 87 6 47 10.3 29.0 38 0.01
KL42-07 323.6 326.6 1.69 16900 2.19 6.7 500 149 64 87 2 65 7 29.5 49 0.01
KL42-07 326.6 329.6 1.19 11900 2.19 8.4 630 164 78 70 7 34 5.5 35.5 45 0.01
KL42-07 329.6 332.6 0.62 6200 2 7.8 750 480 77 92 8 62 6.5 38.5 130 0.01
KL42-07 332.6 335.6 0.45 4500 1.6 7.6 4320 2100 160 132 9 46 9.1 36.0 128 0.01
KL42-07 335.6 338.6 0.38 3800 1.32 4.4 375 200 74 46 10 45 3.2 47.0 52 0.01
KL42-07 338.6 341.6 0.35 3500 1.4 5.6 800 940 130 59 16 26 5.2 36.5 98 0.01
KL42-07 341.6 344.6 0.45 4500 1.24 7 8500 1400 160 108 14 29 4.3 40.5 185 0.01
KL42-07 344.6 347.6 0.4 4000 0.88 3.8 255 240 76 23 18 52 4.1 38.5 120 0.01
KL42-07 347.6 350.6 0.55 5500 0.82 2.9 239 378 88 53 12 29 3 28.5 102 0.01
KL42-07 350.6 353.1 0.465 4650 1.08 2.3 880 328 250 18 20 33 6 20.0 101 0.01
KL42-07 353.1 356.2 0.98 9800 1.28 4.9 4800 790 370 215 22 30 3.3 27.0 95 0.01
KL42-07 356.2 357.8 1.01 10100 1.4 3.3 289 530 47 32 27 11 1.3 38.5 131 0.01
KL42-07 357.8 359.6 0.392 3920 0.54 1.2 124 193 44 66 8 25 0.8 60.5 87 0.01
KL42-07 359.6 362.6 1.39 13900 1.5 4.8 359 230 83 30 54 45 3 27.5 76 0.01
KL42-07 362.6 365.6 1.52 15200 1.94 5.3 410 273 72 33 44 55 3.2 19.5 80 0.01
KL42-07 365.6 368.6 0.68 6800 1.38 2.6 364 233 220 34 40 75 5.4 35.0 111 0.01
KL42-07 368.6 371.6 1.1 11000 2.26 4.7 700 530 230 65 7 88 10.1 26.0 73 0.01
KL42-07 371.6 374.6 1.02 10200 1.82 3.9 1130 430 160 94 8 35 8.4 23.5 131 0.01
KL42-07 374.6 377.6 1.71 17100 2.07 4.8 1270 720 70 151 8 31 12.1 21.5 92 0.01
KL42-07 377.6 380.6 1.29 12900 1.5 4.4 920 430 64 417 8 16 5.2 20.0 73 0.01



Appendix V - 372 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-07 380.6 383.6 1.53 15300 1.7 5.2 1670 350 34 364 10 34 4.6 20.0 57 0.01
KL42-07 383.6 386.6 1.55 15500 1.76 5.8 1030 369 40 155 7 43 3.9 31.5 131 0.01
KL42-07 386.6 389.6 1.45 14500 1.52 4.6 500 251 33 579 4 25 2.7 20.0 92 0.01
KL42-07 389.6 392.6 1.53 15300 1.34 7 480 201 38 170 6 20 3.1 28.0 111 0.01
KL42-07 392.6 395.6 1.82 18200 1.92 4.7 490 173 10 80 4 27 1.9 18.0 46 0.01
KL42-07 395.6 398.6 1.17 11700 1.51 6 570 265 48 136 34 34 2.2 22.5 98 0.01
KL42-07 398.6 401.6 0.71 7100 1.14 3.1 382 316 94 97 30 40 1.9 27.5 101 0.01
KL42-07 401.6 404.6 1.78 17800 2.21 10 580 345 64 486 10 34 5.4 24.0 103 0.01
KL42-07 404.6 407.6 1.22 12200 2.22 6.5 1020 670 84 174 5 30 7.2 24.5 100 0.01
KL42-07 407.6 410.6 4.41 44100 2.72 18 1050 410 52 349 3 48 4.1 26.0 90 0.01
KL42-07 410.6 411.6 1.03 10300 1.23 8.3 410 281 160 505 3 12 5.4 17.0 61 0.01
KL42-07 411.6 413.6 0.268 2680 0.51 3.2 321 260 59 158 4 14 4 12.5 75 0.01
KL42-07 413.6 416.6 0.16 1600 0.6 2.8 740 334 78 112 36 7 3.3 12.3 47 0.01
KL42-07 416.6 419.3 0.27 2700 0.85 5.5 490 395 68 547 18 7 2.4 13.3 132 0.01
KL42-07 419.3 422.4 0.86 8600 0.55 5.8 216 265 46 3030 22 12 2.9 17.8 128 0.01
KL42-07 422.4 425.5 0.85 8500 0.37 4.2 194 249 230 1640 6 10 16.3 15.4 122 0.01
KL42-07 425.5 428.6 0.45 4500 0.38 3 172 150 120 614 4 5 15 21.5 134 0.01
KL42-07 428.6 431.6 0.34 3400 0.19 2.6 234 105 480 610 3 4 19 7.8 61 0.01
KL42-07 431.6 434.6 0.39 3900 0.17 2.3 148 163 140 540 5 5 5.5 7.3 45 0.01
KL42-07 434.6 436 0.8 8000 0.3 3.1 212 80 170 540 4 7 6.8 7.0 36 0.01
KL42-07 436 437.7 1.2 12000 1.1 13.4 490 365 80 511 49 11 3.5 14.5 56 0.01
KL42-07 437.7 440.1 0.28 2800 0.72 5.9 480 264 83 62 14 10 1.8 9.8 157 0.01
KL42-07 440.1 443.2 0.23 2300 0.9 4.8 740 390 150 644 10 7 2.3 8.8 51 0.01
KL42-07 443.2 446.2 1.12 11200 3.14 9.6 1580 2300 500 930 3 67 6.2 40.0 81 0.01
KL42-07 446.2 448.5 3.32 33200 2.8 13 2800 1620 750 678 1 33 4.3 31.0 85 0.13
KL42-07 448.5 451.5 0.36 3600 2.16 4.4 5200 3100 680 141 19 29 17.1 21.5 56 0.01
KL42-07 451.5 454 0.062 620 0.85 3.2 8800 3700 410 29 62 2 15 6.5 36 0.01
KL42-07 454 455.6 0.2 2000 1.84 6.4 2600 730 400 295 140 3 7.3 8.3 48 0.01
KL42-07 455.6 458.6 0.0127 127 0.07 0.01 107 37 15 12 1 0.01 0.7 2.1 18 0.01
KL42-07 458.6 461.6 0.188 1880 0.49 1.6 710 222 230 71 5 4 8.9 8.3 41 0.01
KL42-07 461.6 464.6 0.207 2070 0.67 4.7 1110 1160 270 111 27 7 14 9.3 26 0.01
KL42-07 464.6 467.6 0.55 5500 0.98 3.8 1000 610 320 350 7 15 13 11.0 43 0.01
KL42-07 467.6 470.6 0.2 2000 0.44 2.2 1350 680 260 145 4 5 11 8.0 51 0.01
KL42-07 470.6 473.6 0.048 480 0.25 3.4 1230 618 120 62 5 0.01 6.7 6.0 21 0.01
KL42-07 473.6 476.6 0.0361 361 0.13 0.8 480 198 49 36 6 0.01 2.2 3.0 20 0.01
KL42-07 476.6 479.6 0.0025 25 0.01 0.01 243 95 5 6 0.01 0.01 0.6 1.8 12 0.01
KL42-07 479.6 482.6 0.009 90 0.03 0.01 67 28 10 10 0.01 0.01 0.5 1.3 15 0.01
KL42-07 482.6 485.6 0.0066 66 0.05 0.01 157 377 19 10 0.01 0.01 1.8 1.8 17 0.01
KL42-07 485.6 488.6 0.0074 74 0.08 0.8 260 530 29 8 0.01 0.01 2.9 1.3 24 0.01
KL42-07 488.6 491.6 0.0022 22 0.01 0.01 31 18 10 4 0.01 0.01 0.5 1.0 11 0.01
KL42-07 491.6 494.6 0.0011 11 0.01 0.01 17 9 9 2 0.01 0.01 0.4 0.9 9 0.01
KL42-07 494.6 497.6 0.0009 9 0.01 0.01 13 6 14 2 0.01 0.01 0.4 1.1 17 0.01
KL42-07 497.6 500.6 0.0007 7 0.06 0.01 55 15 27 3 0.01 2 1.2 1.1 17 0.01
KL42-07 500.6 503.6 0.0029 29 0.06 0.01 79 20 65 4 0.01 0.01 2.1 1.6 25 0.1
KL42-07 503.6 506.6 0.0038 38 0.28 0.01 85 23 53 9 0.01 2 3.8 2.1 20 0.2
KL42-07 506.6 509.6 0.0009 9 0.15 0.01 45 19 32 6 0.01 0.01 2.4 1.4 19 0.1
KL42-07 509.6 512.6 0.0032 32 0.05 0.01 30 8 22 10 0.01 0.01 1.1 0.5 14 0.01
KL42-07 512.6 515.6 0.0038 38 0.04 0.01 39 9 24 8 0.01 0.01 0.7 1.1 13 0.01
KL42-07 515.6 518.6 0.0016 16 0.06 0.01 22 5 49 4 0.01 2 1.1 1.5 17 0.01
KL42-07 518.6 521.4 0.0074 74 0.04 0.01 52 26 35 5 0.01 0.01 0.7 1.7 13 0.01
KL42-07 521.4 524.5 0.0085 85 0.15 0.01 417 64 170 18 0.01 2 2.4 2.9 33 0.01
KL42-07 524.5 527.6 0.0069 69 0.11 0.01 246 41 110 16 0.01 3 1.6 2.7 24 0.01
KL42-07 527.6 530.6 0.001 10 0.01 0.01 49 12 19 11 0.01 2 0.5 1.0 18 0.01
KL42-07 530.6 533.6 0.0024 24 0.05 0.01 29 8 21 7 0.01 0.01 0.7 1.0 21 0.01
KL42-07 533.6 536.6 0.0017 17 0.03 0.01 32 7 21 6 0.01 0.01 0.6 0.9 15 0.01
KL42-07 536.6 539.6 0.0013 13 0.05 0.01 59 12 35 7 0.01 0.01 1 2.1 16 0.01
KL42-07 539.6 542.6 0.0009 9 0.03 0.01 24 8 13 5 0.01 0.01 0.4 1.3 11 0.01
KL42-07 542.6 545.6 0.0076 76 0.43 0.01 470 88 620 21 1 3 5.5 5.4 69 0.17
KL42-07 545.6 548.6 0.013 130 0.09 0.01 39 12 16 41 0.01 3 0.7 1.5 19 0.01
KL42-07 548.6 551.6 0.0037 37 0.15 0.01 124 33 110 11 0.01 2 1.9 1.8 30 0.01
KL42-07 551.6 554.6 0.007 70 0.37 0.01 520 105 200 16 1 3 3.7 4.0 46 0.1
KL42-07 554.6 557.6 0.0007 7 0.04 0.01 79 29 14 6 0.01 0.01 0.7 1.1 21 0.01
KL42-07 557.6 560.6 0.0008 8 0.01 0.01 43 15 7 4 0.01 0.01 0.5 0.9 15 0.01



Appendix V - 373 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-07 560.6 563.6 0.0157 157 0.04 0.01 25 9 6 3 2 4 0.2 1.4 13 0.01
KL42-07 563.6 566.6 0.0006 6 0.02 0.01 24 9 4 4 0.01 0.01 0.01 1.2 14 0.01
KL42-07 566.6 569.6 0.0304 304 0.04 0.01 42 20 13 6 1 2 0.7 2.1 12 0.01
KL42-07 569.6 572.6 0.0008 8 0.01 0.01 32 9 8 5 0.01 3 0.01 1.2 11 0.01
KL42-07 572.6 575.6 0.0011 11 0.01 0.01 44 55 7 5 0.01 2 1.1 3.8 19 0.01
KL42-07 575.6 578.6 0.0104 104 0.01 0.01 39 10 6 5 0.01 2 0.01 2.3 12 0.01
KL42-07 578.6 581.6 0.0085 85 0.03 0.01 32 8 14 3 0.01 4 0.2 1.2 21 0.01
KL42-07 581.6 584 0.008 80 0.06 0.01 197 30 21 3 0.01 2 0.3 2.6 23 0.01
KL42-07 584 587.1 0.0029 29 0.04 0.01 261 50 15 6 0.01 2 2.3 1.4 17 0.01
KL42-07 587.1 588.2 0.0014 14 0.01 0.01 37 18 4 3 0.01 0.01 0.01 1.3 13 0.01
KL42-07 588.2 590.6 0.0012 12 0.01 0.01 15 16 2 3 0.01 0.01 0.01 1.0 13 0.01
KL42-08 0 3 0.001 10 0.03 1 267 172 6 5 0.01 0.01 2.3 0.0 17 0.01
KL42-08 3 5.1 0.0009 9 0.02 0.8 86 148 3 2 0.01 0.01 1.1 1.3 13 0.01
KL42-08 5.1 8.1 0.0013 13 0.02 1.2 96 198 2 2 0.01 0.01 1.7 1.1 16 0.01
KL42-08 8.1 11.1 0.0015 15 0.01 1.3 108 480 2 4 0.01 0.01 3.1 1.6 13 0.1
KL42-08 11.1 12.4 0.0012 12 0.01 1.3 93 470 2 4 0.01 0.01 3.3 2.0 14 0.1
KL42-08 12.4 14.7 0.0011 11 0.01 1.3 90 450 3 4 0.01 0.01 2.8 1.6 13 0.1
KL42-08 14.7 16.1 0.0104 104 0.28 4.9 1100 1060 110 13 10 3 8.6 24.0 29 0.14
KL42-08 16.1 18.8 0.0013 13 0.02 0.7 64 113 1 2 0.01 0.01 1.6 0.9 12 0.01
KL42-08 18.8 20.7 0.0051 51 0.04 4.3 216 140 16 0.01 1 0.01 4.2 1.7 19 0.22
KL42-08 20.7 22.6 0.0015 15 0.04 1.3 88 82 4 0.01 0.01 0.01 1.7 0.9 18 0.1
KL42-08 22.6 25 0.0023 23 0.02 1.6 61 95 5 0.01 0.01 0.01 2.1 0.7 13 0.15
KL42-08 25 26.7 0.0025 25 0.02 2.3 75 103 5 0.01 0.01 0.01 3.3 0.8 16 0.19
KL42-08 26.7 29 0.0022 22 0.04 1.1 95 201 6 0.01 0.01 0.01 1.8 0.9 12 0.1
KL42-08 29 32 0.0019 19 0.02 1.3 77 187 7 4 1 0.01 1.5 1.0 14 0.01
KL42-08 32 33.7 0.0013 13 0.01 0.8 70 78 2 2 0.01 0.01 1.1 0.6 12 0.01
KL42-08 33.7 35.7 0.0026 26 0.08 20.3 5100 14200 37 6 0.01 0.01 24 8.9 18 0.73
KL42-08 35.7 38.7 0.0015 15 0.03 1.1 174 180 3 5 0.01 0.01 2.4 1.2 16 0.11
KL42-08 38.7 41.7 0.001 10 0.02 1.2 348 1100 5 0.01 0.01 0.01 2.9 1.2 13 0.01
KL42-08 41.7 44.7 0.0019 19 0.07 11.2 2100 5000 19 3 0.01 0.01 16 5.0 15 0.31
KL42-08 44.7 47.7 0.0011 11 0.19 3 168 780 7 0.01 1 0.01 3 1.4 18 0.56
KL42-08 47.7 50.7 0.0006 6 0.03 0.01 48 96 3 0.01 0.01 0.01 0.9 0.0 15 0.01
KL42-08 50.7 53.7 0.0005 5 0.02 0.01 37 86 1 0.01 0.01 0.01 0.7 0.6 17 0.01
KL42-08 53.7 56.3 0.0007 7 0.03 0.01 48 121 2 0.01 0.01 0.01 0.8 0.0 18 0.01
KL42-08 56.3 59.4 0.0008 8 0.02 0.9 140 334 5 0.01 0.01 0.01 2.1 1.0 16 0.13
KL42-08 59.4 61.4 0.0006 6 0.08 2.3 265 840 3 0.01 0.01 0.01 1.9 1.2 16 0.21
KL42-08 61.4 62.2 0.0006 6 0.02 0.01 87 154 1 0.01 0.01 0.01 0.5 1.3 14 0.01
KL42-08 62.2 65.2 0.0012 12 0.02 1 90 207 7 0.01 0.01 0.01 3.7 0.6 16 0.01
KL42-08 65.2 67 0.0023 23 0.02 1.9 127 301 12 0.01 0.01 0.01 8.4 1.4 15 0.01
KL42-08 67 69.7 0.0005 5 0.02 0.6 48 79 8 0.01 0.01 0.01 0.9 0.0 16 0.01
KL42-08 69.7 71.7 0.0008 8 0.08 3.2 394 1380 8 0.01 0.01 0.01 3.6 1.6 17 0.4
KL42-08 71.7 74.6 0.0008 8 0.04 1.9 205 910 8 0.01 0.01 0.01 2.3 1.3 19 0.1
KL42-08 74.6 75.6 0.0023 23 0.02 1.9 1830 2840 6 0.01 0.01 0.01 3.3 12.6 19 0.01
KL42-08 75.6 78.7 0.0005 5 0.01 0.01 36 56 2 0.01 0.01 0.01 0.3 0.5 22 0.01
KL42-08 78.7 80.7 0.001 10 0.04 1.4 227 410 6 0.01 0.01 0.01 1.9 0.9 20 0.21
KL42-08 80.7 83.7 0.0007 7 0.11 2.5 287 600 10 0.01 0.01 0.01 2.9 1.1 18 0.35
KL42-08 83.7 86.7 0.0007 7 0.01 0.01 86 157 5 0.01 0.01 0.01 1 0.9 18 0.01
KL42-08 86.7 89.7 0.0006 6 0.03 1.2 195 440 9 0.01 0.01 0.01 1.3 1.4 21 0.01
KL42-08 89.7 92.7 0.0011 11 0.06 1.4 205 382 5 0.01 0.01 0.01 1.4 0.7 14 0.01
KL42-08 92.7 95.7 0.0007 7 0.04 0.6 67 68 4 0.01 0.01 0.01 0.5 0.0 17 0.01
KL42-08 95.7 98.7 0.0011 11 0.02 1.4 72 176 43 0.01 4 0.01 3.6 2.3 31 0.15
KL42-08 98.7 101.7 0.0014 14 0.01 0.6 98 104 10 0.01 0.01 0.01 0.8 0.8 19 0.01
KL42-08 101.7 104.7 0.0006 6 0.01 0.8 71 233 5 0.01 0.01 0.01 2.4 0.6 14 0.01
KL42-08 104.7 107.7 0.0132 132 0.05 3 720 990 28 4 2 0.01 5.1 5.8 25 0.1
KL42-08 107.7 110.7 0.0059 59 0.22 6 780 660 81 23 5 0.01 8.5 15.0 32 0.1
KL42-08 110.7 113.7 0.0046 46 0.02 1.4 178 262 10 3 2 0.01 1 1.6 40 0.01
KL42-08 113.7 116.7 0.0115 115 0.03 3 630 830 22 4 2 0.01 2.3 3.4 40 0.01
KL42-08 116.7 119.7 0.005 50 0.04 1.4 265 410 28 3 5 0.01 2.2 8.2 24 0.01
KL42-08 119.7 122.7 0.0022 22 0.02 3 211 800 28 5 4 0.01 4.5 2.1 30 0.01
KL42-08 122.7 125.7 0.0093 93 0.05 1 73 99 53 201 3 0.01 3.7 3.3 28 0.34
KL42-08 125.7 128.7 0.0016 16 0.13 1.4 57 130 35 26 3 0.01 4.3 1.7 20 0.14
KL42-08 128.7 131.7 0.0028 28 0.1 0.6 26 45 35 6 1 0.01 3.7 1.7 24 0.01
KL42-08 131.7 134.7 0.0018 18 0.01 0.7 53 74 31 24 2 0.01 2.1 3.4 24 0.01



Appendix V - 374 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-08 134.7 137.7 0.0036 36 0.03 1.1 79 154 37 97 6 0.01 3 6.5 24 0.1
KL42-08 137.7 140.7 0.0062 62 0.01 0.9 161 149 28 28 2 2 2 4.1 24 0.1
KL42-08 140.7 143.7 0.0163 163 0.02 1.2 236 129 32 66 2 3 2.6 4.3 22 0.01
KL42-08 143.7 146.7 0.048 480 0.02 2.6 287 115 50 700 8 0.01 3.2 2.1 23 0.01
KL42-08 146.7 149.7 0.041 410 0.03 2.7 121 208 54 325 4 0.01 5.3 2.0 30 0.39
KL42-08 149.7 152.7 0.0135 135 0.05 1 71 73 43 90 1 2 5.1 3.1 34 0.47
KL42-08 152.7 155.7 0.041 410 0.03 2.5 124 190 46 320 4 0.01 5.8 2.5 31 0.4
KL42-08 155.7 158.7 0.0046 46 0.06 3 297 351 26 9 2 0.01 3.2 10.6 24 0.39
KL42-08 158.7 161.7 0.0125 125 0.12 10.3 1180 800 81 30 10 5 5.4 30.3 41 0.16
KL42-08 161.7 164.7 0.049 490 0.19 18.2 3400 4880 120 57 40 8 6.5 93.0 105 0.01
KL42-08 164.7 167.7 0.0158 158 0.07 7.9 1160 1450 65 32 13 5 3.7 37.0 62 0.01
KL42-08 167.7 170.7 0.0108 108 0.05 3.7 590 700 65 17 6 0.01 3.5 20.0 45 0.01
KL42-08 170.7 173.7 0.0158 158 0.08 6.3 1060 1350 75 24 12 3 3.9 34.0 55 0.01
KL42-08 173.7 176.7 0.056 560 0.11 9 3100 3850 140 12 7 2 12 19.0 45 0.01
KL42-08 176.7 179.7 0.052 520 0.3 13.7 2000 1100 240 27 50 2 12 74.0 38 0.17
KL42-08 179.7 182.7 0.079 790 0.36 12.8 4520 1180 190 34 36 3 14 137.0 40 0.29
KL42-08 182.7 185.7 0.043 430 0.47 15.1 730 1260 310 73 44 5 9.4 182.0 78 0.01
KL42-08 185.7 188.7 0.0108 108 0.18 4.8 730 940 78 16 7 0.01 4.5 32.0 27 0.16
KL42-08 188.7 191.7 0.0146 146 0.12 3.7 286 480 120 23 2 2 8.2 23.0 38 0.01
KL42-08 191.7 194.7 0.0126 126 0.16 8.4 1140 1480 92 22 24 0.01 5.8 68.0 45 0.12
KL42-08 194.7 197.7 0.053 530 0.33 13.9 1910 1050 250 29 42 2 12 58.0 46 0.29
KL42-08 197.7 200.7 0.0272 272 0.11 11.8 1670 1580 93 32 46 2 4.3 74.0 90 0.01
KL42-08 200.7 203.7 0.0079 79 0.09 6.5 750 1100 69 11 18 2 3.6 28.0 35 0.1
KL42-08 203.7 206.7 0.044 440 0.02 11.9 4070 1980 40 79 30 10 2.5 35.5 60 0.01
KL42-08 206.7 209.7 0.107 1070 0.07 23.8 8000 700 140 207 62 16 6.1 89.0 82 0.01
KL42-08 209.7 212.7 0.143 1430 0.24 13.3 9800 2500 48 980 45 20 2.8 58.5 37 0.01
KL42-08 212.7 215.7 0.005 50 0.05 1.5 335 800 53 990 3 0.01 2.3 10.7 16 0.01
KL42-08 215.7 218.7 0.0028 28 0.1 0.6 126 82 68 870 3 0.01 2.6 11.7 41 0.01
KL42-08 218.7 221.7 0.005 50 0.08 3.2 740 1590 88 30 3 3 10.4 5.9 37 0.01
KL42-08 221.7 224.7 0.0196 196 0.12 3.1 850 940 58 294 9 3 5.3 26.2 31 0.01
KL42-08 224.7 227.7 0.0079 79 0.19 16.2 1110 2670 120 6 1 0.01 40 10.5 21 0.14
KL42-08 227.7 230.7 0.0155 155 0.31 2 490 340 140 29 5 3 9.8 10.4 24 0.2
KL42-08 230.7 233.7 0.0025 25 0.08 1.3 93 341 21 2 0.01 0.01 7.1 4.4 12 0.1
KL42-08 233.7 236.7 0.0068 68 0.12 3.6 810 1500 83 75 5 4 9.8 7.3 46 0.01
KL42-08 236.7 239.7 0.006 60 0.14 7.2 730 1400 80 56 5 4 14.4 7.4 42 0.1
KL42-08 239.7 242.7 0.0076 76 0.24 9.8 1140 740 85 17 7 2 10.9 12.1 35 0.01
KL42-08 242.7 244.9 0.0025 25 0.11 1.1 111 430 120 7 0.01 0.01 3.9 3.5 30 0.12
KL42-08 244.9 247.9 0.0055 55 0.06 0.7 161 339 76 3 0.01 0.01 2.4 2.3 32 0.1
KL42-08 247.9 250.9 0.0035 35 0.05 1.7 560 1380 82 3 0.01 3 4.5 2.7 38 0.01
KL42-08 250.9 253.9 0.0028 28 0.15 2.4 414 1480 180 50 0.01 3 9.5 4.2 41 0.25
KL42-08 253.9 257 0.0044 44 0.04 1.9 112 1000 83 3 0.01 3 3.9 6.5 35 0.01
KL42-08 257 260.1 0.0031 31 0.04 2.3 101 1250 74 4 0.01 3 4.3 5.4 43 0.01
KL42-08 260.1 263.2 0.0266 266 0.1 29.7 9600 7600 260 22 6 0.01 70 7.8 16 0.61
KL42-08 263.2 266.3 0.0022 22 0.1 2.1 156 1180 54 15 4 0.01 4.7 9.2 29 0.1
KL42-08 266.3 269.4 0.0021 21 0.08 3.5 440 2480 75 5 0.01 3 7.3 11.6 38 0.17
KL42-08 269.4 272.3 0.0038 38 0.07 6.9 510 5020 62 6 2 2 9.1 42.0 27 0.01
KL42-08 272.3 275.3 0.0019 19 0.1 1.9 139 1480 100 7 4 4 4 17.8 41 0.01
KL42-08 275.3 278.4 0.0084 84 0.17 4.8 140 5300 100 22 3 7 11.8 72.5 62 0.01
KL42-08 278.4 281.4 0.0097 97 0.09 3.9 450 560 83 120 15 5 3.9 10.9 35 0.01
KL42-08 281.4 284.5 0.0065 65 0.06 8.7 3780 5500 90 66 8 2 7.6 12.8 26 0.01
KL42-08 284.5 287.6 0.0032 32 0.07 3.7 301 1340 52 24 3 4 40 5.2 16 0.1
KL42-08 287.6 290.7 0.0016 16 0.06 1.1 251 383 39 2 0.01 0.01 6.4 2.3 10 0.01
KL42-08 290.7 293.7 0.0053 53 0.1 3.9 2120 2360 40 22 8 2 6.6 9.5 16 0.01
KL42-08 293.7 296.7 0.0036 36 0.06 1.6 600 1420 81 3 0.01 3 4.3 1.8 35 0.1
KL42-08 296.7 299.7 0.002 20 0.03 1.5 160 326 58 49 5 9 2.3 6.3 20 0.01
KL42-08 299.7 302.7 0.0007 7 0.05 0.7 45 56 5 2 0.01 0.01 0.5 0.8 15 0.01
KL42-08 302.7 305.7 0.0008 8 0.02 0.6 117 318 5 2 0.01 0.01 2.6 0.8 12 0.12
KL42-08 305.7 308.7 0.0049 49 0.02 4.6 201 470 40 5 0.01 3 18 3.6 24 0.01
KL42-08 308.7 311.7 0.0067 67 0.22 9.2 1000 800 88 23 6 3 16 10.9 35 0.12
KL42-08 311.7 314.7 0.0039 39 0.21 4.5 610 690 61 28 8 2 7.7 10.5 28 0.01
KL42-08 314.7 317.7 0.0071 71 0.32 4.6 1180 1080 130 21 11 4 12 8.3 25 0.13
KL42-08 317.7 320.7 0.0104 104 0.21 12.1 2470 5800 150 20 4 5 24 8.3 30 0.11
KL42-08 320.7 323.7 0.0067 67 0.19 1.6 500 300 160 35 5 5 7.7 5.0 37 0.01



Appendix V - 375 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-08 323.7 326.7 0.0062 62 0.18 1.9 530 304 150 30 4 6 10 6.9 37 0.01
KL42-08 326.7 329.7 0.0379 379 0.76 42 3260 2230 350 57 14 5 40 31.3 56 0.22
KL42-08 329.7 332.7 0.0077 77 0.41 12 1700 920 120 57 8 4 12.6 30.5 53 0.1
KL42-08 332.7 335.7 0.049 490 0.72 51 4550 2800 370 56 14 4 46 35.8 61 0.29
KL42-08 335.7 338.7 0.011 110 0.35 5.4 1320 1700 78 20 13 2 13.5 39.0 28 0.21
KL42-08 338.7 341.7 0.0142 142 0.12 4 890 1400 71 107 6 2 10.1 8.6 30 0.1
KL42-08 341.7 344.7 0.0186 186 0.13 3.3 910 1150 76 280 6 4 6.4 16.5 32 0.1
KL42-08 344.7 347.7 0.0394 394 0.28 49 51900 78200 130 29 5 3 70 293.0 27 0.14
KL42-08 347.7 350.7 0.102 1020 0.43 96 6800 17500 580 15 8 0.01 410 29.5 18 0.5
KL42-08 350.7 353.7 0.006 60 0.2 10.3 950 2270 110 7 1 0.01 23.5 6.3 23 0.14
KL42-08 353.7 356.7 0.0108 108 0.13 5.6 1250 1680 140 9 4 0.01 18 5.2 8 0.3
KL42-08 356.7 359.7 0.0036 36 0.08 4 346 1430 50 12 1 0.01 50 4.9 14 0.01
KL42-08 359.7 362.7 0.0118 118 0.7 42 15500 10000 94 116 13 0.01 17.8 144.0 31 0.01
KL42-08 362.7 364.2 0.0011 11 0.06 1 207 162 16 5 0.01 0.01 2.1 1.7 14 0.01
KL42-08 364.2 367 0.0012 12 0.05 0.9 300 400 22 3 2 0.01 2.9 4.5 10 0.01
KL42-08 367 370.1 0.0021 21 0.06 1.9 620 620 34 31 6 0.01 2.9 6.5 21 0.01
KL42-08 370.1 371.6 0.0028 28 0.06 1.3 710 460 30 47 6 0.01 6.6 6.3 23 0.01
KL42-08 371.6 374.6 0.0255 255 0.09 32 10600 8800 230 30 6 0.01 70 7.6 13 0.56
KL42-08 374.6 377.6 0.0125 125 0.77 15.6 3500 6400 1000 14 4 10 80 18.2 35 0.96
KL42-08 377.6 380.7 0.0125 125 0.78 15.4 3540 6000 980 15 3 11 80 18.5 36 0.85
KL42-08 380.7 383.7 0.017 170 0.92 14 3440 3210 1140 27 9 8 90 14.0 32 0.89
KL42-08 383.7 386.1 0.002 20 0.07 1.4 256 440 57 2 0.01 0.01 9.4 2.0 13 0.01
KL42-08 386.1 389.2 0.0396 396 0.08 1.3 1610 181 84 4 1 2 3.2 6.4 10 0.29
KL42-08 389.2 392.3 0.0039 39 0.06 1.3 570 236 50 5 1 0.01 2.8 3.9 10 0.01
KL42-08 392.3 394.4 0.124 1240 0.11 1.4 3550 170 160 9 1 4 3.8 9.1 14 0.49
KL42-08 394.4 396 0.321 3210 0.02 2.6 135 99 200 34 3 26 2.8 2.8 23 0.01
KL42-08 396 398.5 0.0084 84 0.01 0.01 100 146 120 13 1 15 1.4 3.3 17 0.01
KL42-08 398.5 401.6 0.0125 125 0.01 0.6 46 45 40 100 2 13 1.5 2.3 13 0.01
KL42-08 401.6 404.5 0.002 20 0.04 2.2 153 286 52 49 5 8 2.2 9.1 21 0.01
KL42-08 404.5 407.6 0.004 40 0.02 1.7 212 1610 85 10 2 10 2.8 11.2 16 0.01
KL42-09 0 5.2 0.0125 125 0.05 0.9 157 101 9 7 0.01 0.01 1.6 4.7 19 0.16
KL42-09 5.2 8.6 0.0045 45 0.12 1.8 520 390 20 7 0.01 0.01 2.6 1.9 16 0.1
KL42-09 8.6 11.6 0.0041 41 0.04 1.5 284 323 10 5 0.01 0.01 2.3 1.5 14 0.01
KL42-09 11.6 14.9 0.0039 39 0.06 2.3 1390 420 13 2 0.01 0.01 3.2 1.6 18 0.01
KL42-09 14.9 17.4 0.0041 41 0.1 1.1 269 122 9 4 0.01 0.01 2.2 1.4 21 0.18
KL42-09 17.4 20.6 0.0054 54 0.07 1.2 206 86 15 7 0.01 0.01 1.8 0.9 20 0.1
KL42-09 20.6 23.6 0.003 30 0.08 3.5 430 298 28 3 0.01 0.01 3.2 1.3 17 0.31
KL42-09 23.6 26.6 0.0034 34 0.07 0.7 110 56 9 2 0.01 0.01 1.5 0.7 21 0.1
KL42-09 26.6 29.6 0.003 30 0.08 0.01 66 57 12 6 0.01 0.01 1.8 0.9 19 0.01
KL42-09 29.6 32.6 0.0019 19 0.04 0.01 74 48 6 0.01 0.01 0.01 3 1.3 14 0.01
KL42-09 32.6 35.6 0.0059 59 0.03 0.5 81 36 12 6 0.01 0.01 3.2 2.5 25 0.01
KL42-09 35.6 38.6 0.0022 22 0.04 0.8 60 129 8 4 1 0.01 1.8 1.7 34 0.01
KL42-09 38.6 41.6 0.0031 31 0.13 2.2 830 130 21 4 0.01 0.01 6.2 1.3 45 0.98
KL42-09 41.6 44.6 0.0025 25 0.12 2.6 650 151 24 5 0.01 0.01 4.8 3.0 23 0.75
KL42-09 44.6 47.6 0.0017 17 0.1 1.6 960 450 17 7 0.01 0.01 4.7 2.3 19 1.1
KL42-09 47.6 50.6 0.0035 35 0.11 0.9 166 60 27 4 0.01 0.01 8 0.0 60 0.55
KL42-09 50.6 53.6 0.0038 38 0.01 0.01 37 13 10 2 0.01 0.01 1.6 0.0 31 0.01
KL42-09 53.6 56.6 0.0027 27 0.04 0.6 48 24 12 2 0.01 0.01 2.8 0.8 23 0.14
KL42-09 56.6 59.6 0.003 30 0.01 0.01 35 22 8 3 0.01 0.01 1.3 0.8 17 0.01
KL42-09 59.6 62.6 0.0046 46 0.01 0.01 77 47 13 5 0.01 0.01 1.8 1.0 20 0.01
KL42-09 62.6 65.6 0.0022 22 0.01 0.01 29 15 11 2 0.01 0.01 0.9 1.4 21 0.01
KL42-09 65.6 68.6 0.0015 15 0.01 0.5 23 12 10 4 0.01 0.01 0.6 0.9 30 0.01
KL42-09 68.6 71.6 0.0093 93 0.01 0.01 26 24 29 3 0.01 0.01 6.3 1.1 31 0.01
KL42-09 71.6 74.6 0.012 120 0.01 0.01 26 8 7 4 0.01 0.01 0.6 1.2 23 0.01
KL42-09 74.6 77.6 0.0012 12 0.01 0.01 15 15 13 4 0.01 0.01 0.5 2.1 24 0.01
KL42-09 77.6 80.6 0.0032 32 0.02 0.8 74 37 18 9 0.01 0.01 1.8 1.6 26 0.01
KL42-09 80.6 83.6 0.0032 32 0.01 0.01 68 24 6 3 0.01 0.01 0.6 0.7 31 0.01
KL42-09 83.6 86.6 0.0038 38 0.01 0.01 29 13 9 3 0.01 0.01 0.8 0.7 44 0.01
KL42-09 86.6 89.6 0.0019 19 0.03 0.6 344 133 5 2 0.01 0.01 1.3 1.5 34 0.25
KL42-09 89.6 92.6 0.0027 27 0.03 1.2 258 192 21 4 0.01 0.01 2 2.1 28 0.11
KL42-09 92.6 95.6 0.0031 31 0.01 0.01 68 37 18 4 0.01 0.01 0.9 1.4 29 0.01
KL42-09 95.6 98.6 0.0011 11 0.01 0.01 45 42 17 3 0.01 0.01 0.7 1.2 30 0.01
KL42-09 98.6 101.4 0.0012 12 0.03 0.8 159 117 31 3 0.01 0.01 3.6 2.8 15 0.01



Appendix V - 376 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-09 101.4 104.5 0.0192 192 0.05 2.2 430 420 59 22 5 0.01 10 3.1 26 0.15
KL42-09 104.5 107.6 0.0095 95 0.01 2.9 2080 1900 35 7 0.01 0.01 11.9 2.9 24 0.18
KL42-09 107.6 110.6 0.21 2100 0.04 73 63000 54900 51 5 0.01 0.01 200 80.0 17 2.65
KL42-09 110.6 113.6 0.0063 63 0.01 1.7 376 510 19 3 0.01 0.01 5.7 1.8 27 0.01
KL42-09 113.6 116.6 0.0013 13 0.01 0.5 83 106 8 4 0.01 2 1.6 1.1 20 0.01
KL42-09 116.6 119.1 0.0018 18 0.01 1.9 34 33 9 3 0.01 2 0.5 1.6 26 0.01
KL42-09 119.1 122.6 0.0029 29 0.01 0.7 800 640 8 10 0.01 0.01 1.6 4.1 15 0.01
KL42-09 122.6 125.6 0.0036 36 0.04 5.5 760 1440 46 2 0.01 0.01 33 1.7 26 0.44
KL42-09 125.6 128.6 0.0041 41 0.06 16.5 780 2480 69 3 2 0.01 82 4.5 19 0.47
KL42-09 128.6 131.6 0.0011 11 0.04 1.6 480 322 28 2 0.01 0.01 28 1.8 14 0.26
KL42-09 131.6 134.6 0.0012 12 0.01 0.5 100 61 8 4 0.01 0.01 2.4 1.1 21 0.01
KL42-09 134.6 137.6 0.0014 14 0.01 0.01 36 44 4 4 0.01 0.01 0.8 0.0 20 0.01
KL42-09 137.6 140.6 0.004 40 0.01 1 156 61 6 3 0.01 0.01 2.9 1.6 12 0.01
KL42-09 140.6 143.6 0.0009 9 0.04 0.01 68 33 22 2 0.01 0.01 1.8 1.4 25 0.01
KL42-09 143.6 146.6 0.0036 36 0.15 0.8 50 47 41 8 1 0.01 3.3 2.7 18 0.11
KL42-09 146.6 149.6 0.0026 26 0.24 0.9 336 211 21 4 0.01 0.01 7.5 3.2 36 0.01
KL42-09 149.6 152.6 0.001 10 0.11 0.7 291 119 21 4 0.01 0.01 3.3 4.9 19 0.01
KL42-09 152.6 155.6 0.0023 23 0.01 0.01 450 345 18 2 0.01 0.01 1.5 1.0 24 0.01
KL42-09 155.6 158.6 0.0043 43 0.07 6.1 4000 4500 49 10 6 0.01 8.4 17.5 40 0.37
KL42-09 158.6 161.6 0.168 1680 0.28 13.3 570 490 330 12 134 0.01 43 20.0 46 0.39
KL42-09 161.6 164.6 0.003 30 0.09 1.3 307 270 20 3 2 0.01 3.4 2.4 24 0.01
KL42-09 164.6 167.6 0.0042 42 0.17 5.5 910 2260 62 3 1 0.01 10.3 3.5 29 0.01
KL42-09 167.6 170.6 0.122 1220 0.18 2.6 1000 880 210 6 0.01 0.01 4.9 4.9 33 0.11
KL42-09 170.6 173.6 0.0038 38 0.03 0.8 2500 1250 15 2 0.01 0.01 2.1 1.7 20 0.1
KL42-09 173.6 176.6 0.0068 68 0.03 2.9 1830 1050 23 2 6 0.01 3.1 3.3 33 0.01
KL42-09 176.6 179.6 0.0063 63 0.07 12 3300 2130 44 24 39 3 3.6 16.2 42 0.11
KL42-09 179.6 182.6 0.057 570 0.25 5.1 3750 5000 140 10 9 6 11 5.8 48 0.4
KL42-09 182.6 185.1 0.099 990 0.14 3.6 187 259 310 13 50 2 35 7.5 47 0.29
KL42-09 185.1 188.2 0.0367 367 0.07 13.4 4700 3200 110 9 8 3 64 12.0 43 0.67
KL42-09 188.2 190.9 0.048 480 0.16 7.5 5500 2600 200 140 17 5 26 16.4 24 0.33
KL42-09 190.9 192.8 3.27 32700 2.32 60 520 540 8000 7 372 58 3400 102.0 165 3.25
KL42-09 192.8 195.2 1.67 16700 1.02 30 238 121 4900 51 63 26 780 25.5 135 1.38
KL42-09 195.2 197.1 0.92 9200 1.64 48 580 296 3300 112 24 3 440 18.8 235 1.35
KL42-09 197.1 200.3 0.34 3400 0.6 72 111 232 650 10 100 0.01 180 53.2 88 0.38
KL42-09 200.3 203.4 0.08 800 1.03 63 720 14600 680 13 19 0.01 93 13.8 123 1.16
KL42-09 203.4 206.5 0.0183 183 0.38 3.2 5900 2000 170 8 7 2 10.5 4.8 198 0.1
KL42-09 206.5 208.7 0.0237 237 1.28 14.1 11600 13100 200 39 4 3 23.5 16.0 103 0.21
KL42-09 208.7 211.6 0.08 800 1.34 41 5300 27600 350 89 4 4 49 29.7 135 0.39
KL42-09 211.6 214.6 0.024 240 0.09 3.6 1320 1330 59 18 2 0.01 16.1 1.6 125 0.15
KL42-09 214.6 218.6 0.0111 111 0.19 2.3 2430 930 57 22 3 0.01 6.6 1.9 200 0.01
KL42-09 218.6 221.6 0.0041 41 0.22 2.4 2050 1680 63 31 1 0.01 5.6 1.9 90 0.01
KL42-09 221.6 224.6 0.047 470 0.08 3.1 1520 810 78 32 20 2 18.7 2.4 110 0.01
KL42-09 224.6 227.6 0.0176 176 0.07 2.3 1040 610 49 36 5 2 6.7 1.3 97 0.01
KL42-09 227.6 230.4 0.0082 82 0.48 4.8 3950 2500 75 14 1 0.01 9.1 2.4 110 0.1
KL42-09 230.4 233.5 0.0137 137 0.26 2.5 4300 1240 53 31 1 0.01 5.9 2.4 183 0.01
KL42-09 233.5 236.6 0.095 950 0.2 6.1 4000 5000 320 99 3 2 48 7.0 141 0.15
KL42-09 236.6 239.6 0.0061 61 0.24 1.2 860 480 18 20 1 0.01 2.5 3.3 71 0.01
KL42-09 239.6 242.3 0.0031 31 0.2 1.4 420 450 30 15 1 0.01 3.3 1.9 80 0.01
KL42-09 242.3 245.4 0.0056 56 0.1 1 152 298 23 321 2 0.01 2.9 2.6 50 0.01
KL42-09 245.4 247.9 0.0075 75 0.18 175 610 45600 33 37 400 0.01 10.4 307.0 50 0.01
KL42-09 247.9 250.7 0.0051 51 0.04 3.1 175 1950 34 150 8 0.01 6.5 18.1 86 0.01
KL42-09 250.7 253.9 0.0106 106 0.02 4.6 145 1610 50 188 15 0.01 8 17.5 14 0.01
KL42-09 253.9 256.6 0.0198 198 0.06 4.9 198 1400 64 450 29 2 9.5 14.0 55 0.01
KL42-09 256.6 258.9 0.444 4440 0.3 5 1140 670 1200 1750 41 11 82 7.4 76 0.36
KL42-09 258.9 261.1 0.98 9800 1.09 16.3 3200 1280 1320 1480 246 29 170 22.5 77 0.48
KL42-09 261.1 263.6 0.064 640 0.54 6.8 2970 1340 210 200 39 6 37 40.3 64 0.29
KL42-09 263.6 266.6 0.0242 242 0.08 4.3 1630 1430 32 34 27 2 3.8 10.4 16 0.14
KL42-09 266.6 269.6 0.0174 174 0.08 2 384 720 35 26 10 0.01 1.9 6.0 17 0.01
KL42-09 269.6 272.6 0.0112 112 0.08 4.1 132 1210 31 9 12 0.01 1.9 5.8 15 0.01
KL42-09 272.6 275.6 0.0072 72 0.04 1 67 460 15 10 4 0.01 1.1 2.6 13 0.01
KL42-09 275.6 278.3 0.01 100 0.07 1.5 102 540 45 7 5 0.01 3.2 4.6 12 0.01
KL42-09 278.3 281.5 0.0063 63 0.05 1.7 117 580 28 6 6 0.01 1.8 5.0 17 0.01
KL42-09 281.5 284.6 0.0239 239 0.17 28.4 3200 10500 80 4 100 0.01 19.5 13.0 37 0.15



Appendix V - 377 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-09 284.6 287.6 0.0043 43 0.03 1.2 69 192 8 5 2 0.01 1.3 1.8 22 0.01
KL42-09 287.6 290.3 0.0018 18 0.02 0.01 48 36 8 4 1 0.01 0.4 0.5 24 0.01
KL42-09 290.3 293.3 0.0105 105 0.07 2.3 2580 710 16 8 14 0.01 1.2 10.3 27 0.01
KL42-09 293.3 296.7 0.0037 37 0.03 1.1 660 301 10 9 4 0.01 1.2 2.5 27 0.01
KL42-09 296.7 299.4 0.0025 25 0.05 1.4 283 287 17 5 3 0.01 1.3 3.5 27 0.01
KL42-09 299.4 301.9 0.0066 66 0.05 2.5 1820 1250 29 4 7 0.01 3.4 8.3 26 0.16
KL42-09 301.9 304.6 0.002 20 0.02 0.6 96 90 9 10 2 0.01 0.7 1.3 21 0.01
KL42-09 304.6 307.4 0.0103 103 0.09 3.9 660 1650 36 30 7 0.01 8.8 6.3 30 0.01
KL42-09 307.4 309.7 0.054 540 0.09 4.2 177 301 180 16 5 0.01 26 4.8 38 0.01
KL42-09 309.7 312.2 0.003 30 0.04 1.1 70 76 13 7 4 0.01 0.9 3.0 34 0.01
KL42-09 312.2 314.8 0.0174 174 0.06 3.2 218 216 67 15 7 0.01 2.8 9.3 34 0.01
KL42-09 314.8 317.2 0.022 220 0.14 3.3 670 237 120 21 9 0.01 5.5 15.1 60 0.01
KL42-09 317.2 320.2 0.0039 39 0.03 1.3 112 225 11 4 4 0.01 0.7 9.3 31 0.01
KL42-09 320.2 323.2 0.005 50 0.02 0.8 97 52 16 9 2 0.01 0.9 4.0 29 0.01
KL42-09 323.2 326.6 0.0127 127 0.06 5.7 4810 3870 18 11 8 0.01 7.8 9.5 28 0.17
KL42-09 326.6 329.3 0.0082 82 0.03 1.2 520 204 23 25 4 0.01 5 2.0 21 0.01
KL42-09 329.3 331.7 0.0056 56 0.02 0.6 103 65 16 40 2 0.01 1.8 1.5 17 0.01
KL42-09 331.7 334.8 0.001 10 0.02 0.01 62 53 3 13 1 0.01 0.4 1.5 12 0.01
KL42-09 334.8 337.1 0.0013 13 0.01 0.8 94 201 3 15 3 0.01 0.4 2.8 10 0.01
KL42-09 337.1 339.3 0.0044 44 0.02 0.6 209 87 10 24 2 0.01 5 2.8 14 0.01
KL42-09 339.3 342.6 0.0017 17 0.01 0.7 229 245 3 10 1 0.01 0.4 2.3 13 0.01
KL42-09 342.6 345.1 0.001 10 0.01 0.01 122 68 1 10 1 0.01 0.3 1.8 15 0.01
KL42-09 345.1 348.8 0.0013 13 0.01 0.01 129 88 3 6 1 0.01 0.4 1.3 16 0.01
KL42-09 348.8 351.6 0.0021 21 0.01 0.01 85 68 5 5 1 0.01 0.8 1.8 16 0.01
KL42-09 351.6 354.1 0.0033 33 0.01 1.3 341 1060 12 8 2 0.01 1.8 3.8 17 0.01
KL42-09 354.1 356.6 0.0012 12 0.01 0.01 182 80 4 5 1 0.01 0.3 1.9 14 0.01
KL42-09 356.6 359.2 0.0036 36 0.01 0.9 680 363 8 4 2 0.01 0.5 2.8 15 0.01
KL42-09 359.2 362.6 0.002 20 0.02 0.01 190 126 8 11 1 0.01 0.8 2.5 15 0.01
KL42-09 362.6 365.6 0.0083 83 0.06 45 960 17800 38 10 110 0.01 8.5 192.0 23 0.01
KL42-09 365.6 368.6 0.026 260 0.02 4.2 830 1320 12 17 1 0.01 1.5 11.8 15 0.01
KL42-09 368.6 371.6 0.0048 48 0.04 0.9 90 206 6 4 1 0.01 1.6 2.5 20 0.01
KL42-09 371.6 374.5 0.0106 106 0.02 1.2 316 770 17 9 2 0.01 1.6 3.5 17 0.01
KL42-09 374.5 377.6 0.0183 183 0.03 1.3 490 580 2 123 5 0.01 2.9 4.3 16 0.01
KL42-09 377.6 380.6 0.0124 124 0.02 2.3 290 1000 16 7 2 0.01 7.6 6.5 17 0.01
KL42-09 380.6 382.9 0.004 40 0.01 0.01 81 97 2 4 1 0.01 0.5 1.5 14 0.01
KL42-09 382.9 384.9 0.0074 74 0.02 0.8 540 720 5 5 1 0.01 1.4 4.3 13 0.01
KL42-09 384.9 386.8 0.05 500 0.06 0.8 395 383 9 35 1 0.01 1.2 4.8 14 0.01
KL42-09 386.8 389.6 0.52 5200 0.24 1.4 520 22 8 320 4 28 0.2 4.8 14 0.01
KL42-09 389.6 392.6 0.0075 75 0.01 0.9 1140 780 5 16 0.01 0.01 1.7 3.5 18 0.01
KL42-09 392.6 395.6 0.0099 99 0.02 1.2 550 750 9 10 1 0.01 1.8 7.3 12 0.11
KL42-09 395.6 398.6 1.32 13200 0.37 2.6 580 17 25 46 2 27 1 9.5 26 0.01
KL42-09 398.6 401.6 0.22 2200 0.53 13.8 24600 5000 230 13 46 10 5.3 96.0 36 0.85
KL42-09 401.6 404.6 0.42 4200 0.53 2.7 217 88 110 15 3 12 10.5 25.6 51 0.01
KL42-09 404.6 407.6 1.49 14900 1.33 2.9 151 40 32 33 0.01 11 3.6 12.0 41 0.01
KL42-09 407.6 410.6 1.81 18100 1.16 2.6 146 27 8 23 0.01 7 1.6 8.5 30 0.01
KL42-09 410.6 412.4 0.336 3360 0.25 1.2 157 70 23 39 1 10 1.5 4.5 60 0.01
KL42-09 412.4 414.9 0.89 8900 1.09 2.6 189 30 29 7 2 18 8.3 12.5 32 0.01
KL42-09 414.9 417.6 1.45 14500 1.44 4.7 257 45 13 17 4 20 5.5 17.2 41 0.01
KL42-09 417.6 419.6 0.059 590 0.08 1.3 2650 740 59 7 4 3 8.6 10.5 15 0.26
KL42-09 419.6 420.8 1.41 14100 0.32 2.1 346 27 7 23 16 16 0.5 4.5 23 0.01
KL42-09 420.8 423 0.375 3750 0.39 1.4 103 33 22 19 1 7 0.6 4.3 16 0.01
KL42-09 423 425.6 0.75 7500 0.44 1.9 101 20 14 59 1 12 1.2 6.5 9 0.01
KL42-09 425.6 428.6 0.37 3700 0.36 1.1 157 59 25 45 1 10 1.2 4.5 51 0.01
KL42-09 428.6 431.6 0.192 1920 0.04 1.8 127 88 89 23 5 5 13.8 3.3 142 0.01
KL42-09 431.6 434.3 0.14 1400 0.15 0.7 41 10 5 37 1 0.01 0.7 1.5 10 0.01
KL42-09 434.3 437.4 0.062 620 0.07 0.01 56 9 5 92 1 0.01 0.6 0.0 29 0.01
KL42-09 437.4 440.6 1.33 13300 0.15 1.9 770 11 2 11 2 25 0.8 7.5 21 0.01
KL42-09 440.6 443.6 1.91 19100 0.29 3.1 520 15 4 257 1 31 0.01 8.5 31 0.01
KL42-09 443.6 446.6 0.057 570 0.04 0.7 1100 220 9 8 0.01 6 0.8 6.5 25 0.01
KL42-09 446.6 449.6 1.54 15400 0.32 2.3 8900 20 11 530 1 41 1.1 10.0 20 0.01
KL42-09 449.6 452.6 0.47 4700 0.23 1.2 1800 15 7 8 1 30 0.2 6.3 11 0.01
KL42-09 452.6 455.6 0.49 4900 0.23 1.1 650 17 13 9 0.01 31 0.6 6.0 21 0.01
KL42-09 455.6 458.6 0.45 4500 0.23 1 610 12 13 8 0.01 33 0.7 6.0 21 0.01



Appendix V - 378 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-09 458.6 461.6 0.0152 152 0.01 0.01 40 15 4 12 0.01 0.01 0.9 0.0 7 0.01
KL42-09 461.6 464.6 0.063 630 0.04 0.7 640 45 20 3 2 5 0.01 3.3 13 0.01
KL42-09 464.6 467.1 0.072 720 0.08 0.01 261 17 15 4 1 6 0.2 2.5 20 0.01
KL42-09 467.1 470.2 0.0378 378 0.02 0.01 32 20 4 60 1 2 0.6 1.6 205 0.01
KL42-09 470.2 473.1 2.22 22200 0.28 2.6 417 10 3 1020 1 26 1.2 1.0 15 0.01
KL42-09 473.1 474.6 2.47 24700 0.38 2.8 820 9 4 1660 1 46 0.3 12.5 19 0.01
KL42-09 474.6 477.6 0.27 2700 0.13 2 1360 970 18 14 0.01 4 4.2 3.3 13 0.01
KL42-09 477.6 479.6 0.92 9200 0.45 1.2 118 20 7 16 0.01 5 0.3 10.5 17 0.01
KL42-09 479.6 482.6 0.102 1020 0.09 0.01 2910 15 16 20 0.01 23 2.6 2.0 16 0.01
KL42-09 482.6 485.6 0.108 1080 0.07 0.01 236 16 8 158 2 4 0.9 1.3 42 0.01
KL42-09 485.6 488.6 0.287 2870 0.17 1.4 302 221 14 323 0.01 4 0.01 4.5 19 0.01
KL42-09 488.6 491.6 0.4 4000 0.14 3.4 960 650 14 48 2 4 0.8 4.0 14 0.01
KL42-09 491.6 494.6 0.125 1250 0.07 0.8 238 13 20 13 6 3 0.2 0.8 16 0.01
KL42-09 494.6 497.6 0.043 430 0.04 0.6 268 46 17 5 0.01 0.01 0.3 0.8 13 0.01
KL42-09 497.6 499.6 0.094 940 0.1 0.9 231 39 18 6 2 0.01 0.3 1.8 16 0.01
KL42-09 499.6 502.8 0.282 2820 0.13 1 289 61 13 9 1 7 0.01 3.0 13 0.01
KL42-09 502.8 504.8 0.066 660 0.07 0.5 430 51 25 5 2 0.01 0.7 1.0 16 0.01
KL42-09 504.8 507 0.076 760 0.07 0.9 324 85 12 6 1 2 1.5 1.3 20 0.01
KL42-09 507 509 1.15 11500 0.6 3.8 1280 88 17 7 1 12 0.7 13.0 27 0.01
KL42-09 509 512.6 1.17 11700 0.78 4.3 2600 720 17 7 0.01 18 2 10.2 27 0.01
KL42-09 512.6 515.6 0.75 7500 0.75 2.6 394 54 21 9 1 20 1.7 7.8 28 0.01
KL42-09 515.6 518.6 0.47 4700 0.44 2.5 480 50 24 4 1 17 1.3 7.8 31 0.01
KL42-09 518.6 521.6 0.228 2280 0.23 2.1 470 265 9 8 1 10 1.6 4.3 84 0.01
KL42-09 521.6 524.6 1.3 13000 0.49 3.1 11500 43 24 10 0.01 71 3.2 19.5 35 0.73
KL42-09 524.6 527.6 1 10000 0.42 4 540 90 38 15 1 31 7 18.0 54 0.01
KL42-09 527.6 530.6 1.5 15000 0.67 4.1 126 13 9 2 5 31 4.5 12.5 28 0.46
KL42-09 530.6 533.6 1.89 18900 1.88 2.8 137 14 1 4 4 21 0.9 15.5 45 0.1
KL42-09 533.6 536.2 1.58 15800 0.87 1.9 1250 16 18 4 1 26 0.01 11.5 45 0.01
KL42-09 536.2 539.6 0.56 5600 0.16 0.9 57 28 7 19 0.01 7 0.7 5.3 60 0.01
KL42-09 539.6 541.9 0.248 2480 0.19 0.7 53 15 3 26 0.01 8 0.2 2.3 70 0.01
KL42-09 541.9 545.3 0.269 2690 0.21 1.5 480 257 12 18 0.01 10 0.9 3.2 66 0.01
KL42-09 545.3 548.1 0.128 1280 0.11 0.5 62 30 10 22 0.01 8 0.8 2.3 94 0.01
KL42-09 548.1 551.9 1.02 10200 0.76 1.1 1070 41 19 10 0.01 20 0.4 7.2 62 0.01
KL42-09 551.9 554.6 0.44 4400 0.19 2.8 920 560 17 13 0.01 10 1.3 7.0 71 0.01
KL42-09 554.6 557.6 0.129 1290 0.12 0.6 67 37 12 24 0.01 7 0.9 2.0 93 0.01
KL42-09 557.6 560.6 0.92 9200 0.44 11.7 820 1900 21 93 6 10 17.5 12.0 80 0.01
KL42-09 560.6 563.6 0.124 1240 0.18 0.6 134 81 4 5 0.01 5 0.3 1.1 86 0.01
KL42-09 563.6 566.6 0.23 2300 0.28 0.8 245 160 10 12 1 6 0.7 2.0 85 0.01
KL42-09 566.6 569.6 0.23 2300 0.18 0.7 80 23 6 5 0.01 5 0.3 1.9 60 0.01
KL42-09 569.6 572.6 0.24 2400 0.22 3.1 246 570 13 18 3 5 2.1 3.1 65 0.01
KL42-09 572.6 575.6 0.341 3410 0.26 1.6 367 311 12 29 0.01 8 1 2.6 76 0.01
KL42-09 575.6 578.6 0.21 2100 0.21 1.6 267 99 10 18 1 6 1.6 3.0 62 0.01
KL42-09 578.6 581.7 0.191 1910 0.17 1.7 440 148 11 21 2 5 1.5 2.7 102 0.01
KL42-09 581.7 584.7 0.22 2200 0.13 1 173 82 30 20 2 6 2.6 2.1 117 0.01
KL42-09 584.7 587.6 0.33 3300 0.23 1.4 230 30 20 25 2 9 2.7 6.8 26 0.01
KL42-09 587.6 590.6 0.28 2800 0.24 1.5 700 292 17 9 1 7 1.4 2.4 98 0.01
KL42-09 590.6 593.6 0.53 5300 0.34 4.2 1070 190 15 24 1 10 3.5 9.8 68 0.01
KL42-09 593.6 596.6 0.204 2040 0.07 1.5 257 131 5 63 1 5 1.3 1.6 113 0.01
KL42-09 596.6 599.6 0.209 2090 0.08 1.6 247 146 48 42 3 6 5 0.9 150 0.01
KL42-09 599.6 602.6 0.152 1520 0.01 2.2 183 106 75 13 4 7 10 1.8 106 0.01
KL42-09 602.6 605.6 0.381 3810 0.21 1.8 263 62 43 23 3 12 6.7 5.2 65 0.01
KL42-09 605.6 607.8 0.21 2100 0.03 1 115 39 150 5 5 8 13.5 2.9 91 0.01
KL42-09 607.8 611.3 0.15 1500 0.12 1.3 53 30 4 36 5 5 1.5 1.9 142 0.01
KL42-09 611.3 614.6 0.042 420 0.04 0.01 34 13 45 54 2 8 2.7 15.8 167 0.01
KL42-09 614.6 617.6 0.048 480 0.03 0.01 26 8 40 24 1 7 7.6 7.0 215 0.01
KL42-09 617.6 620.6 0.053 530 0.05 0.01 44 22 37 31 2 7 5.9 3.4 310 0.01
KL42-09 620.6 623.6 0.089 890 0.05 0.01 18 11 2 25 3 5 1.4 2.2 167 0.01
KL42-09 623.6 626.2 0.084 840 0.03 0.01 16 6 5 26 2 6 1.3 2.2 123 0.01
KL42-09 626.2 629.3 0.11 1100 0.02 0.6 33 16 2 24 1 6 0.5 1.5 112 0.01
KL42-09 629.3 632.4 0.176 1760 0.03 0.8 96 26 120 8 4 8 12 1.8 111 0.01
KL42-09 632.4 635.5 0.011 110 0.01 0.01 16 6 11 31 2 6 1.7 8.1 145 0.01
KL42-09 635.5 638.6 0.0197 197 0.02 0.01 58 25 14 372 0.01 3 2.4 3.3 142 0.01
KL42-09 638.6 641.6 0.0146 146 0.03 0.01 17 6 16 480 1 6 2.5 4.8 241 0.01



Appendix V - 379 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-09 641.6 644.6 0.136 1360 0.13 0.6 40 15 10 62 6 5 2.7 2.4 89 0.01
KL42-09 644.6 647.5 0.056 560 0.1 0.01 21 8 83 37 1 8 14.4 2.2 150 0.01
KL42-09 647.5 650.6 0.086 860 0.04 0.9 21 9 2 28 2 6 0.6 1.5 121 0.01
KL42-09 650.6 653.6 0.0338 338 0.09 0.01 18 8 28 24 2 17 3.5 4.8 118 0.01
KL42-09 653.6 656.6 0.0297 297 0.01 0.01 13 8 8 13 1 14 0.9 5.2 110 0.01
KL42-09 656.6 659.6 0.0201 201 0.04 0.01 23 10 8 77 0.01 8 1.7 2.7 146 0.01
KL42-09 659.6 662.6 0.0137 137 0.02 0.01 31 9 7 16 1 5 1.1 3.6 200 0.01
KL42-09 662.6 664.9 0.0192 192 0.03 0.01 12 6 26 31 1 6 3.7 3.9 172 0.01
KL42-09 664.9 668.6 0.069 690 0.03 0.01 13 6 12 11 1 5 1.3 1.4 224 0.01
KL42-09 668.6 671.6 0.071 710 0.01 0.01 56 35 3 31 0.01 3 2.5 1.2 138 0.01
KL42-09 671.6 674.6 0.072 720 0.03 0.01 13 6 12 14 1 5 1.1 1.6 232 0.01
KL42-09 674.6 677.6 0.075 750 0.03 0.01 10 7 150 28 1 6 12.3 2.6 198 0.01
KL42-09 677.6 680.6 0.099 990 0.01 0.7 33 25 4 26 2 2 1 1.6 115 0.01
KL42-09 680.6 683.6 0.101 1010 0.03 0.5 11 6 7 40 2 3 3.7 2.5 70 0.01
KL42-09 683.6 686.6 0.0334 334 0.02 0.01 9 5 11 57 0.01 0.01 2.2 2.0 90 0.01
KL42-09 686.6 689.6 0.0148 148 0.01 0.01 11 0.01 24 40 0.01 4 2.6 5.0 135 0.01
KL42-09 689.6 692.6 0.0361 361 0.01 0.01 14 0.01 13 41 0.01 2 2.3 1.6 114 0.01
KL42-09 692.6 694.8 0.0201 201 0.01 0.01 16 5 3 40 0.01 0.01 1.6 1.2 59 0.01
KL42-09 694.8 697.4 0.041 410 0.01 0.01 25 11 8 56 1 2 1.8 1.4 95 0.01
KL42-09 697.4 700 0.0273 273 0.01 0.01 27 9 4 84 0.01 3 1.4 3.2 91 0.01
KL42-09 700 703 0.415 4150 0.05 0.5 40 19 14 32 0.01 4 0.4 6.0 174 0.01
KL42-09 703 707.5 0.0349 349 0.01 0.01 13 0.01 9 42 0.01 2 2.5 1.9 91 0.01
KL42-09 707.5 710.4 0.0265 265 0.01 0.01 12 0.01 45 25 0.01 2 5.8 1.5 90 0.01
KL42-09 710.4 713.6 0.0329 329 0.01 0.01 40 16 48 33 0.01 0.01 6.4 0.5 87 0.01
KL42-09 713.6 716.3 0.0135 135 0.01 0.01 11 0.01 5 64 0.01 2 0.5 0.5 188 0.01
KL42-09 716.3 719.6 0.0352 352 0.01 0.01 14 6 75 24 0.01 3 8.7 2.7 68 0.01
KL42-09 719.6 722.6 0.01 100 0.01 0.01 14 6 13 44 0.01 2 1.4 1.7 116 0.01
KL42-09 722.6 725.6 0.0206 206 0.01 0.01 23 11 34 34 0.01 2 3 2.9 156 0.01
KL42-09 725.6 728.2 0.0249 249 0.01 0.01 14 7 46 26 0.01 0.01 4.1 2.0 102 0.01
KL42-09 728.2 731.6 0.0239 239 0.01 0.01 21 13 34 25 0.01 0.01 4 2.1 204 0.01
KL42-09 731.6 734.6 0.059 590 0.01 0.01 20 11 150 23 1 3 13 2.6 110 0.01
KL42-09 734.6 737.6 0.0228 228 0.01 0.01 68 21 56 137 0.01 0.01 3.7 2.1 221 0.01
KL42-09 737.6 740.6 0.069 690 0.01 0.01 30 9 47 31 1 2 2.2 4.6 201 0.01
KL42-09 740.6 743.6 0.0299 299 0.01 0.01 12 6 21 30 1 5 2.7 4.1 121 0.01
KL42-09 743.6 746.6 0.0153 153 0.01 0.01 20 8 12 79 0.01 3 1.8 5.0 191 0.01
KL42-09 746.6 749 0.044 440 0.01 0.01 18 8 20 32 0.01 4 1.8 2.6 242 0.01
KL42-09 749 752.1 0.0311 311 0.01 0.01 21 9 36 63 0.01 0.01 3 4.3 200 0.01
KL42-09 752.1 755.2 0.0319 319 0.01 0.01 20 28 7 43 2 0.01 0.8 1.8 59 0.01
KL42-09 755.2 758.3 0.048 480 0.01 0.01 34 21 4 24 1 2 0.4 1.2 313 0.01
KL42-09 758.3 761.3 0.0273 273 0.02 0.01 28 15 71 51 0.01 0.01 4.9 2.3 197 0.01
KL42-09 761.3 764.4 0.0261 261 0.01 0.01 22 16 38 41 1 2 2.9 3.5 160 0.01
KL42-09 764.4 767.5 0.0298 298 0.01 0.01 13 7 1 66 1 0.01 0.3 1.2 103 0.01
KL42-09 767.5 769.7 0.031 310 0.01 0.01 29 10 2 47 0.01 3 0.7 2.4 231 0.01
KL42-09 769.7 772.8 0.045 450 0.01 0.01 30 14 9 54 1 3 0.9 2.6 234 0.01
KL42-09 772.8 774.6 0.0165 165 0.01 0.01 32 18 7 54 0.01 3 0.6 1.9 260 0.01
KL42-09 774.6 776.6 0.0404 404 0.02 0.01 29 9 17 57 0.01 0.01 0.7 3.3 164 0.01
KL42-09 776.6 779.6 0.0363 363 0.01 0.01 24 7 7 41 0.01 0.01 0.7 2.6 208 0.01
KL42-09 779.6 782.6 0.0371 371 0.01 0.01 43 17 7 28 0.01 0.01 0.3 2.5 223 0.01
KL42-09 782.6 785.6 0.067 670 0.01 0.01 81 32 36 33 0.01 0.01 2.6 2.1 288 0.01
KL42-09 785.6 788.6 0.044 440 0.01 0.01 54 14 5 42 0.01 3 1 1.5 121 0.01
KL42-09 788.6 791.6 0.043 430 0.01 0.01 52 22 9 36 1 2 0.8 2.2 193 0.01
KL42-09 791.6 794.6 0.0296 296 0.02 0.01 52 30 39 206 0.01 4 2.3 3.5 305 0.01
KL42-09 794.6 797.6 0.099 990 0.01 0.01 35 16 16 55 1 2 1.8 3.2 170 0.01
KL42-09 797.6 800.6 0.0135 135 0.01 0.01 31 16 13 142 0.01 2 1.4 2.7 243 0.01
KL42-09 800.6 803.6 0.079 790 0.01 0.01 58 21 30 84 1 3 1.9 3.8 108 0.01
KL42-09 803.6 806.6 0.08 800 0.01 0.01 47 19 52 79 1 2 2.4 3.1 177 0.01
KL42-09 806.6 809.6 0.0206 206 0.01 0.01 42 14 23 65 1 2 1.5 3.3 167 0.01
KL42-09 809.6 812.6 0.082 820 0.01 0.01 47 17 21 94 1 2 2.1 3.7 106 0.01
KL42-09 812.6 815.6 0.104 1040 0.01 0.6 26 12 7 82 0.01 0.01 1.1 1.9 118 0.01
KL42-09 815.6 818.6 0.099 990 0.01 0.6 54 20 26 110 0.01 2 1.9 3.3 118 0.01
KL42-09 818.6 820.6 0.107 1070 0.01 0.01 56 29 80 92 1 4 4 3.3 181 0.01
KL42-10 0 2 0.0012 12 0.01 0.01 88 74 9 2 0.01 0.01 1.6 0.8 15 0.12
KL42-10 2 4.7 0.001 10 0.01 0.5 117 67 10 2 0.01 0.01 1.9 0.8 15 0.15



Appendix V - 380 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-10 4.7 7.7 0.0019 19 0.01 0.6 167 90 6 0.01 0.01 0.01 1 0.5 14 0.01
KL42-10 7.7 10.7 0.0013 13 0.04 0.5 112 58 14 2 0.01 0.01 1.8 0.6 14 0.01
KL42-10 10.7 13.1 0.0033 33 0.06 1.1 116 148 12 4 0.01 0.01 2.1 0.6 15 0.01
KL42-10 13.1 16.1 0.0015 15 0.03 0.6 117 66 10 3 0.01 0.01 1.8 0.7 15 0.01
KL42-10 16.1 17.1 0.0013 13 0.02 0.01 92 57 9 3 0.01 0.01 1.6 0.6 13 0.01
KL42-10 17.1 19.7 0.0019 19 0.05 0.6 140 58 10 4 0.01 0.01 1.5 1.1 12 0.01
KL42-10 19.7 22.7 0.0031 31 0.17 11.7 7000 3620 65 8 5 0.01 12 29.3 25 0.13
KL42-10 22.7 25.7 0.0008 8 0.15 0.9 153 62 12 3 0.01 0.01 2.1 0.7 23 0.11
KL42-10 25.7 28.7 0.0008 8 0.01 0.01 59 25 7 2 0.01 0.01 1.3 0.0 13 0.01
KL42-10 28.7 31.4 0.001 10 0.04 0.01 97 29 12 3 0.01 0.01 1.8 0.5 18 0.11
KL42-10 31.4 34.5 0.0011 11 0.02 0.01 64 13 8 0.01 0.01 0.01 1.8 0.0 14 0.01
KL42-10 34.5 37.7 0.0009 9 0.02 0.01 137 52 4 2 0.01 0.01 1 0.0 16 0.01
KL42-10 37.7 40.7 0.0006 6 0.05 0.01 134 17 10 0.01 0.01 0.01 2.1 1.3 13 0.27
KL42-10 40.7 43.7 0.0018 18 0.04 0.01 112 29 9 2 0.01 0.01 1.9 1.7 13 0.26
KL42-10 43.7 46.7 0.0007 7 0.03 0.01 95 25 8 0.01 0.01 0.01 2 0.5 13 0.23
KL42-10 46.7 49.7 0.0007 7 0.03 0.6 101 11 8 0.01 0.01 0.01 1.3 0.8 13 0.12
KL42-10 49.7 52.7 0.0008 8 0.02 1.3 243 62 19 2 0.01 0.01 3 1.1 16 0.39
KL42-10 52.7 55.4 0.0012 12 0.04 3.4 460 289 29 3 0.01 0.01 6.1 3.7 15 0.46
KL42-10 55.4 56.7 0.0009 9 0.08 0.8 108 24 10 2 0.01 0.01 2 0.0 15 0.39
KL42-10 56.7 58.7 0.0012 12 0.07 1.2 165 49 18 2 0.01 0.01 2.2 1.2 13 0.36
KL42-10 58.7 61.6 0.0005 5 0.05 0.7 167 36 7 3 0.01 0.01 1.8 0.0 13 0.23
KL42-10 61.6 64.4 0.0008 8 0.04 0.6 98 28 5 0.01 0.01 0.01 1.3 0.6 14 0.24
KL42-10 64.4 67.4 0.0012 12 0.05 0.8 149 35 8 0.01 0.01 0.01 1.4 1.3 16 0.22
KL42-10 67.4 70.3 0.0029 29 0.5 39 760 279 41 3 0.01 0.01 6.1 4.0 32 0.36
KL42-10 70.3 73.2 0.0008 8 0.07 1.2 107 37 8 0.01 0.01 0.01 1.6 1.2 16 0.1
KL42-10 73.2 75 0.0012 12 0.05 2.1 357 136 9 2 0.01 0.01 1.3 3.1 18 0.2
KL42-10 75 76.7 0.0007 7 0.01 0.01 95 36 8 2 0.01 0.01 1.3 1.0 15 0.01
KL42-10 76.7 79.7 0.0023 23 0.04 0.8 253 78 7 0.01 0.01 0.01 1.5 1.3 15 0.12
KL42-10 79.7 82.7 0.0295 295 0.06 1.3 376 111 9 2 0.01 0.01 1.8 1.2 17 0.16
KL42-10 82.7 85.3 0.0179 179 0.11 2.5 840 247 19 3 0.01 0.01 2 1.9 17 0.26
KL42-10 85.3 86.9 0.003 30 0.04 1 206 67 12 2 0.01 0.01 1.5 1.0 21 0.12
KL42-10 86.9 90 0.001 10 0.02 0.5 135 42 5 0.01 0.01 0.01 0.4 0.0 16 0.01
KL42-10 90 91.7 0.0011 11 0.01 0.01 113 43 3 0.01 0.01 0.01 0.5 0.6 18 0.01
KL42-10 91.7 94.7 0.0026 26 0.01 0.01 171 37 3 0.01 0.01 0.01 0.9 0.5 18 0.01
KL42-10 94.7 97.7 0.0018 18 0.01 0.01 87 30 4 4 0.01 0.01 1.3 0.5 20 0.01
KL42-10 97.7 100.7 0.0006 6 0.04 1 219 48 9 2 0.01 0.01 1.9 0.0 36 0.1
KL42-10 100.7 103 0.0007 7 0.06 0.9 287 61 10 0.01 0.01 0.01 2.1 0.6 18 0.1
KL42-10 103 106 0.0238 238 0.17 1 259 44 18 4 0.01 0.01 3 1.5 26 0.01
KL42-10 106 108 0.0016 16 0.04 0.5 185 51 7 3 0.01 0.01 1.3 0.6 17 0.01
KL42-10 108 109.7 0.0008 8 0.03 0.5 260 41 9 2 0.01 0.01 1.1 0.0 13 0.01
KL42-10 109.7 112.7 0.001 10 0.02 0.6 141 35 6 3 0.01 0.01 1.2 0.7 14 0.01
KL42-10 112.7 115.7 0.0013 13 0.01 0.6 192 56 4 3 0.01 0.01 1.1 0.6 13 0.01
KL42-10 115.7 118.6 0.0007 7 0.02 0.6 160 39 4 0.01 0.01 0.01 1 0.5 11 0.01
KL42-10 118.6 121.7 0.0017 17 0.04 1.2 520 110 9 0.01 0.01 0.01 2.1 2.1 13 0.11
KL42-10 121.7 124.7 0.0008 8 0.04 1.4 520 140 9 0.01 0.01 0.01 1.9 1.4 12 0.1
KL42-10 124.7 127.4 0.0009 9 0.02 0.8 181 49 5 0.01 0.01 0.01 1.8 0.9 14 0.01
KL42-10 127.4 129.4 0.0006 6 0.02 1.7 490 181 9 0.01 0.01 0.01 3.3 1.1 23 0.01
KL42-10 129.4 131.6 0.0005 5 0.01 0.7 150 41 9 0.01 0.01 0.01 3 0.7 15 0.01
KL42-10 131.6 133.4 0.0012 12 0.01 0.6 200 62 6 0.01 0.01 0.01 2.2 0.6 11 0.01
KL42-10 133.4 135.2 0.0009 9 0.08 3.2 590 286 35 3 5 0.01 17.8 14.0 23 0.01
KL42-10 135.2 136.7 0.0006 6 0.01 0.8 89 48 10 0.01 0.01 0.01 1.9 2.9 15 0.01
KL42-10 136.7 139.7 0.0013 13 0.01 0.7 213 35 10 0.01 0.01 0.01 1.6 1.4 12 0.01
KL42-10 139.7 142.7 0.0008 8 0.01 0.01 160 36 4 0.01 0.01 0.01 1.1 0.8 17 0.01
KL42-10 142.7 145.7 0.0007 7 0.02 0.01 237 55 7 0.01 0.01 0.01 1.5 0.8 15 0.01
KL42-10 145.7 148.7 0.0006 6 0.01 0.01 218 49 4 0.01 0.01 0.01 0.8 0.6 13 0.01
KL42-10 148.7 150.3 0.0009 9 0.01 0.01 260 58 5 0.01 0.01 0.01 1.1 0.5 11 0.01
KL42-10 150.3 151.7 0.0011 11 0.01 0.01 108 43 5 3 0.01 0.01 1 0.0 13 0.01
KL42-10 151.7 154.7 0.0008 8 0.01 0.01 136 79 2 0.01 0.01 0.01 0.7 0.0 15 0.01
KL42-10 154.7 157.7 0.0012 12 0.01 2.9 3550 450 13 3 0.01 0.01 3.9 3.8 44 0.48
KL42-10 157.7 160.7 0.0009 9 0.01 0.9 286 70 5 0.01 0.01 0.01 1.2 1.0 14 0.01
KL42-10 160.7 163.5 0.0007 7 0.01 0.01 99 38 4 2 0.01 0.01 0.5 0.6 12 0.01
KL42-10 163.5 166.7 0.0006 6 0.01 0.5 187 54 7 0.01 0.01 0.01 1.9 1.0 20 0.01
KL42-10 166.7 169.7 0.0004 4 0.01 0.01 98 31 3 0.01 0.01 0.01 0.5 0.5 20 0.01



Appendix V - 381 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-10 169.7 172.7 0.0029 29 0.02 0.01 139 39 6 2 0.01 0.01 0.9 0.0 23 0.01
KL42-10 172.7 175.7 0.0013 13 0.01 0.01 178 61 4 2 0.01 0.01 0.7 0.0 18 0.01
KL42-10 175.7 178.7 0.0005 5 0.01 0.01 226 75 2 0.01 0.01 0.01 0.3 0.0 12 0.01
KL42-10 178.7 181.3 0.0004 4 0.01 0.01 148 69 2 0.01 0.01 0.01 0.2 0.0 15 0.01
KL42-10 181.3 184.1 0.0011 11 0.01 0.5 213 106 7 2 0.01 0.01 0.7 0.6 11 0.01
KL42-10 184.1 187.2 0.0007 7 0.01 0.01 186 59 3 0.01 0.01 0.01 0.01 0.0 12 0.01
KL42-10 187.2 190.3 0.0009 9 0.01 1.1 1190 530 8 2 0.01 0.01 0.9 0.7 13 0.01
KL42-10 190.3 192 0.0029 29 0.02 1.6 1560 460 12 5 1 0.01 1.5 1.3 11 0.01
KL42-10 192 193.7 0.0037 37 0.25 14.9 1460 2200 64 10 32 0.01 4.2 16.3 17 0.01
KL42-10 193.7 196.3 0.0012 12 0.01 0.6 356 130 5 0.01 0.01 0.01 0.8 0.7 12 0.01
KL42-10 196.3 199.2 0.0027 27 0.26 13.9 1310 2350 63 6 33 0.01 4.1 13.2 20 0.01
KL42-10 199.2 201.6 0.0021 21 0.02 1.3 520 216 7 4 0.01 0.01 0.5 1.1 14 0.01
KL42-10 201.6 204.1 0.0354 354 0.04 2 339 1270 10 102 0.01 0.01 1.6 1.8 35 0.01
KL42-10 204.1 205.7 0.0015 15 0.07 1.1 620 365 10 2 0.01 0.01 1 1.0 16 0.01
KL42-10 205.7 207.7 0.0137 137 0.03 1.2 377 1010 6 82 0.01 0.01 1.5 1.4 26 0.01
KL42-10 207.7 210.2 0.002 20 0.01 0.8 680 194 8 2 1 0.01 0.7 1.2 10 0.01
KL42-10 210.2 211.7 0.0011 11 0.01 0.7 272 120 7 2 0.01 0.01 0.5 1.2 11 0.01
KL42-10 211.7 214.7 0.0012 12 0.02 0.7 500 155 5 0.01 0.01 0.01 0.7 1.0 13 0.01
KL42-10 214.7 217.7 0.0013 13 0.07 1.2 570 500 8 0.01 0.01 0.01 1.3 1.6 17 0.01
KL42-10 217.7 220.7 0.0016 16 0.09 2.6 980 520 12 3 0.01 0.01 2 2.4 13 0.01
KL42-10 220.7 222.6 0.0016 16 0.08 2.7 1030 490 13 3 0.01 0.01 2.2 2.4 11 0.01
KL42-10 222.6 225.1 0.0021 21 0.07 1.8 1360 780 19 3 0.01 0.01 2.8 2.2 11 0.01
KL42-10 225.1 226.7 0.0063 63 0.07 1.8 930 620 20 4 1 0.01 2.1 2.4 9 0.01
KL42-10 226.7 229.4 0.011 110 0.18 5.3 2050 1520 68 5 2 0.01 7 5.2 14 0.01
KL42-10 229.4 231.6 0.002 20 0.19 1.9 1020 670 19 3 0.01 0.01 2.1 1.9 15 0.01
KL42-10 231.6 232.7 0.0024 24 0.17 2.1 1150 830 15 3 0.01 0.01 1.9 2.0 13 0.01
KL42-10 232.7 235.7 0.001 10 0.05 1.6 860 600 11 2 0.01 0.01 2.6 1.0 11 0.01
KL42-10 235.7 238.7 0.0015 15 0.1 1 510 272 6 0.01 0.01 0.01 0.8 3.2 18 0.01
KL42-10 238.7 240.7 0.0011 11 0.05 1 540 367 11 2 0.01 0.01 1.3 1.7 17 0.01
KL42-10 240.7 243.9 0.0018 18 0.04 1 610 430 10 0.01 0.01 0.01 1.6 2.0 15 0.01
KL42-10 243.9 246.8 0.0014 14 0.12 1.3 720 374 12 0.01 0.01 0.01 2.8 1.7 21 0.01
KL42-10 246.8 249.8 0.0011 11 0.02 3.2 1350 1130 13 0.01 0.01 0.01 4 1.5 9 0.01
KL42-10 249.8 250.7 0.0012 12 0.01 0.6 670 251 6 0.01 0.01 0.01 0.9 0.0 12 0.01
KL42-10 250.7 253.7 0.0042 42 0.17 7.6 4800 4070 59 0.01 1 0.01 11.5 4.6 17 0.11
KL42-10 253.7 256.3 0.0023 23 0.17 2.7 2170 860 23 2 0.01 0.01 3.9 5.2 16 0.1
KL42-10 256.3 259.4 0.0009 9 0.08 1.2 900 560 7 0.01 0.01 0.01 1.3 2.6 17 0.01
KL42-10 259.4 262.4 0.0015 15 0.1 1.5 800 610 7 0.01 0.01 0.01 1.5 3.0 15 0.01
KL42-10 262.4 265.5 0.0015 15 0.07 1.4 800 580 8 0.01 0.01 0.01 1.4 2.7 20 0.01
KL42-10 265.5 268.6 0.0008 8 0.08 1.2 640 325 5 0.01 0.01 0.01 0.9 2.1 18 0.01
KL42-10 268.6 271.7 0.0036 36 0.15 2.1 1900 990 15 0.01 0.01 0.01 2 2.3 20 0.01
KL42-10 271.7 273.7 0.002 20 0.14 2.3 1070 800 13 0.01 0.01 0.01 2.5 3.6 15 0.01
KL42-10 273.7 275.7 0.74 7400 0.32 6.2 1490 780 200 5 11 0.01 9 4.3 54 0.11
KL42-10 275.7 277.6 0.0041 41 0.27 1.2 830 400 13 0.01 0.01 0.01 2 2.0 28 0.01
KL42-10 277.6 280.6 0.0088 88 0.14 0.9 750 580 10 0.01 0.01 3 1.3 1.5 21 0.01
KL42-10 280.6 283.7 0.033 330 0.08 1 680 600 19 0.01 3 2 1.3 2.6 18 0.01
KL42-10 283.7 285.2 0.0114 114 0.08 1.3 1640 1010 36 2 0.01 0.01 2.1 7.9 16 0.01
KL42-10 285.2 286.7 0.0169 169 0.13 2.2 3580 1860 50 0.01 0.01 2 4 10.8 24 0.13
KL42-10 286.7 289.8 0.0297 297 0.15 3.4 2780 3240 79 0.01 1 0.01 4.3 13.0 20 0.2
KL42-10 289.8 292.7 0.175 1750 0.24 13.6 9500 7900 420 3 16 2 7.5 46.5 25 1.33
KL42-10 292.7 295 5 50000 0.4 67 3200 1510 2870 23 197 0.01 32 10.0 115 0.72
KL42-10 295 296.3 1.3 13000 0.12 8.8 1960 810 2300 7 14 0.01 8.8 5.0 21 0.31
KL42-10 296.3 299.4 0.0241 241 0.28 1.5 6700 1150 50 4 1 0.01 3 8.4 19 0.12
KL42-10 299.4 301.6 0.0205 205 0.28 3.9 2750 2100 55 6 6 0.01 2.6 13.0 18 0.18
KL42-10 301.6 303 0.0296 296 0.41 8.1 9900 6300 100 31 8 0.01 6.4 29.2 21 0.15
KL42-10 303 306 0.006 60 0.05 4.1 1240 2250 19 0.01 0.01 0.01 4.6 3.8 11 0.01
KL42-10 306 308.9 0.0097 97 0.07 46 23300 40500 27 4 0.01 0.01 40 15.5 17 0.13
KL42-10 308.9 311.9 0.0018 18 0.04 0.9 560 510 11 3 0.01 0.01 0.8 1.2 17 0.01
KL42-10 311.9 314.8 0.0078 78 0.06 3.4 2820 2330 35 4 1 0.01 4.4 5.4 13 0.01
KL42-10 314.8 318 0.0023 23 0.08 0.8 1070 560 6 0.01 0.01 0.01 1 1.4 17 0.01
KL42-10 318 319.7 0.011 110 0.05 11.2 7500 7000 21 2 1 0.01 13.1 4.0 14 0.1
KL42-10 319.7 321.2 0.0041 41 0.03 1 560 800 10 3 1 0.01 1.5 1.8 18 0.01
KL42-10 321.2 322.7 0.0023 23 0.04 1.2 630 900 10 0.01 0.01 0.01 1.7 1.1 17 0.01
KL42-10 322.7 324.2 0.0039 39 0.04 1 520 800 9 2 2 0.01 0.9 2.5 17 0.01



Appendix V - 382 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-10 324.2 326 0.0031 31 0.03 2.2 660 1050 10 4 3 0.01 1.4 3.0 16 0.01
KL42-10 326 328.7 0.0033 33 0.02 0.9 420 610 7 0.01 0.01 2 1.7 2.0 15 0.01
KL42-10 328.7 330.7 0.0035 35 0.03 0.8 790 420 11 0.01 0.01 0.01 1.2 1.5 13 0.01
KL42-10 330.7 333.5 0.0028 28 0.03 0.01 430 208 7 0.01 0.01 3 0.6 1.0 16 0.01
KL42-10 333.5 334.8 0.0032 32 0.04 0.9 910 500 10 2 0.01 0.01 1.2 2.5 11 0.01
KL42-10 334.8 337.4 0.0055 55 0.04 0.9 730 610 6 2 0.01 0.01 1.4 1.3 13 0.01
KL42-10 337.4 340.7 0.0187 187 0.21 0.8 770 355 12 7 0.01 0.01 1.2 2.1 21 0.01
KL42-10 340.7 343.8 0.0055 55 0.03 0.01 388 300 6 3 0.01 0.01 0.8 0.8 20 0.01
KL42-10 343.8 346.8 0.0062 62 0.04 2.6 4760 2300 12 8 2 0.01 2.8 3.8 17 0.01
KL42-10 346.8 349.1 0.015 150 0.05 39 65000 58600 25 4 0.01 0.01 50 8.5 16 0.1
KL42-10 349.1 352.2 0.0079 79 0.07 6.7 3210 6500 23 11 9 0.01 5.5 5.0 18 0.01
KL42-10 352.2 353.9 0.0036 36 0.04 1 450 325 10 2 0.01 0.01 1 1.3 18 0.01
KL42-10 353.9 355.8 0.0022 22 0.03 9.8 1340 7000 11 4 0.01 2 12.4 2.6 12 0.01
KL42-10 355.8 358.8 0.0031 31 0.08 89 2800 40000 24 6 2 2 112 10.3 14 0.12
KL42-10 358.8 361.8 0.0019 19 0.02 8.9 470 6700 8 2 0.01 0.01 14.4 1.0 14 0.01
KL42-10 361.8 364.8 0.0018 18 0.01 1.5 251 450 7 2 0.01 0.01 1.4 0.0 18 0.01
KL42-10 364.8 367.8 0.0144 144 0.09 1.4 1280 580 70 7 2 0.01 4.3 6.3 17 0.1
KL42-10 367.8 370.7 0.004 40 0.07 0.9 1100 750 11 4 0.01 0.01 1.3 4.0 15 0.01
KL42-10 370.7 373.5 0.0054 54 0.06 5 1060 2300 31 4 1 0.01 7.1 3.8 16 0.01
KL42-10 373.5 376.2 0.0026 26 0.02 0.6 460 330 10 4 0.01 0.01 1.2 1.5 20 0.01
KL42-10 376.2 377.3 0.0031 31 0.02 0.01 258 85 9 2 0.01 0.01 0.6 1.0 21 0.01
KL42-10 377.3 379.1 0.0021 21 0.02 0.01 232 105 6 2 0.01 0.01 0.8 1.1 17 0.01
KL42-10 379.1 381.7 0.002 20 0.02 0.01 225 117 6 3 0.01 0.01 0.8 1.3 15 0.01
KL42-10 381.7 383.6 0.0052 52 0.05 0.7 870 420 12 2 0.01 0.01 1.8 3.0 22 0.01
KL42-10 383.6 385.2 0.0128 128 0.03 0.7 220 133 15 5 2 0.01 1.4 2.3 24 0.01
KL42-10 385.2 388.1 0.0135 135 0.04 0.6 242 146 18 6 1 0.01 0.6 2.3 29 0.01
KL42-10 388.1 390.8 0.0097 97 0.02 0.5 184 214 15 5 2 0.01 0.9 2.2 24 0.01
KL42-10 390.8 393.9 0.0117 117 0.02 0.5 100 105 12 5 2 0.01 0.8 2.3 23 0.01
KL42-10 393.9 395.6 0.002 20 0.02 0.01 480 292 6 3 0.01 0.01 0.9 1.7 16 0.01
KL42-10 395.6 397 0.0352 352 0.04 0.6 221 58 11 3 1 0.01 0.8 2.9 26 0.01
KL42-10 397 398.6 0.0104 104 0.02 0.01 121 46 24 8 1 0.01 0.5 2.0 22 0.01
KL42-10 398.6 400.8 0.051 510 0.07 0.5 660 29 23 9 2 3 1.6 3.2 25 0.01
KL42-10 400.8 403.8 0.05 500 0.03 0.01 520 176 17 3 2 0.01 0.8 5.2 26 0.01
KL42-10 403.8 406.8 0.0085 85 0.02 0.01 323 53 15 5 2 0.01 1 2.5 20 0.01
KL42-10 406.8 409.8 0.0137 137 0.07 0.01 238 57 15 16 2 0.01 0.8 4.0 28 0.01
KL42-10 409.8 412.8 0.0132 132 0.04 0.01 248 48 16 6 1 0.01 0.5 3.2 31 0.01
KL42-10 412.8 415.8 0.067 670 0.06 0.7 301 44 38 10 4 3 1.5 5.2 18 0.01
KL42-10 415.8 418.8 0.112 1120 0.1 0.9 540 70 44 18 3 4 2.1 5.0 22 0.01
KL42-10 418.8 421.8 0.058 580 0.07 0.01 690 27 27 7 2 2 1.6 3.0 25 0.01
KL42-10 421.8 424.8 0.054 540 0.11 0.7 680 18 20 11 5 5 1.6 4.8 33 0.01
KL42-10 424.8 427.8 0.089 890 0.14 0.7 830 23 24 89 2 7 0.9 5.3 22 0.01
KL42-10 427.8 430.8 0.365 3650 1.6 2 1830 41 24 58 6 15 1.1 5.4 19 0.01
KL42-10 430.8 433.8 0.139 1390 0.9 1 1000 31 34 27 2 5 1.6 5.8 31 0.01
KL42-10 433.8 436.7 0.055 550 0.34 0.01 650 26 25 9 1 3 0.7 3.5 22 0.01
KL42-10 436.7 439.7 0.121 1210 0.44 0.7 590 110 25 2 3 2 1.2 4.9 16 0.01
KL42-10 439.7 442.7 0.298 2980 0.38 2.3 292 57 120 38 2 3 4 4.3 32 0.01
KL42-10 442.7 445.7 0.115 1150 0.29 0.7 1850 16 65 3 2 10 0.9 7.2 39 0.1
KL42-10 445.7 448.7 0.18 1800 0.28 1.2 1220 39 69 4 2 10 0.7 11.0 38 0.1
KL42-10 448.7 451.7 0.61 6100 0.68 4.5 1430 16 66 8 2 19 1.2 31.3 50 0.4
KL42-10 451.7 454.7 0.295 2950 0.42 1.8 2090 22 51 16 2 13 1.1 17.0 56 0.38
KL42-10 454.7 457.7 0.416 4160 0.42 2.1 460 63 16 38 24 8 0.5 12.5 35 0.01
KL42-10 457.7 460.7 0.76 7600 1.2 3.5 790 14 14 15 2 18 0.3 10.0 34 0.1
KL42-10 460.7 463.7 0.66 6600 1.06 3.9 660 31 38 4 3 13 0.9 14.5 47 0.14
KL42-10 463.7 466.7 0.89 8900 1.15 11 6400 6600 28 12 18 13 0.9 19.0 41 0.59
KL42-10 466.7 469.7 1.12 11200 1.3 1.5 116 19 21 17 1 12 0.4 11.0 129 0.01
KL42-10 469.7 472.7 0.93 9300 0.96 3 2400 780 24 39 4 9 1 18.0 172 0.01
KL42-10 472.7 475.7 0.511 5110 0.47 1.5 283 184 34 59 4 9 1 19.0 80 0.1
KL42-10 475.7 478.7 0.56 5600 0.36 2.9 278 196 100 60 4 6 4 39.5 100 0.14
KL42-10 478.7 481.7 0.108 1080 0.19 2.2 2700 1380 28 17 1 0.01 2.6 10.6 52 0.27
KL42-10 481.7 484.7 0.41 4100 0.42 1.1 296 115 40 25 2 5 1.5 5.8 51 0.01
KL42-10 484.7 487.7 0.52 5200 0.62 1.7 349 213 98 176 3 9 6.3 7.5 120 0.01
KL42-10 487.7 490.7 0.29 2900 0.3 1.9 460 380 32 182 5 8 2.6 10.5 94 0.01
KL42-10 490.7 492.6 0.0067 67 0.08 2.2 1230 850 27 3 1 0.01 3.5 3.3 14 0.01



Appendix V - 383 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-10 492.6 495.3 0.5 5000 0.48 10.5 1020 5010 56 596 1 10 8.8 8.3 113 0.01
KL42-10 495.3 497.4 0.071 710 0.09 3.5 174 2600 21 271 2 2 3.6 4.0 70 0.01
KL42-10 497.4 499 0.112 1120 0.14 1.6 420 740 23 103 3 4 4.2 5.8 43 0.01
KL42-10 499 501 0.68 6800 0.77 5.6 372 94 260 99 5 7 8.5 7.0 37 0.17
KL42-10 501 502.7 0.94 9400 0.57 5 402 460 1780 101 7 8 100 9.0 213 0.15
KL42-10 502.7 505.7 0.098 980 0.17 19.5 9000 15500 330 7 2 2 49 7.3 67 0.13
KL42-10 505.7 508.7 0.443 4430 0.59 3.1 580 124 750 45 4 9 208 14.8 147 0.36
KL42-10 508.7 511.7 0.58 5800 0.6 3.7 184 158 1670 53 3 11 190 7.5 120 0.17
KL42-10 511.7 514.7 0.28 2800 0.24 2.2 73 191 680 90 3 4 62 6.8 121 0.01
KL42-10 514.7 517.7 0.326 3260 0.46 3 148 79 840 145 3 6 69 10.0 114 0.1
KL42-10 517.7 520.7 0.056 560 0.34 2 48 59 72 39 2 8 17.3 9.3 152 0.01
KL42-10 520.7 523.7 0.48 4800 0.44 28.3 2430 6300 170 73 30 8 32 13.0 157 0.88
KL42-10 523.7 526.7 0.21 2100 0.4 6.8 1030 680 72 277 9 6 45 14.5 139 0.46
KL42-10 526.7 529.8 0.302 3020 0.67 4 4500 4400 170 104 3 6 10.6 14.8 124 0.17
KL42-10 529.8 531.9 0.074 740 0.19 0.01 460 159 20 31 0.01 3 1.1 3.0 63 0.01
KL42-10 531.9 534 0.0337 337 0.39 0.01 1430 149 36 50 1 4 1.2 5.3 59 0.01
KL42-10 534 536.5 0.117 1170 0.37 0.01 219 97 25 51 1 3 1.4 5.8 36 0.01
KL42-10 536.5 538.7 0.0285 285 0.54 0.01 1550 550 43 149 1 4 1.1 6.0 92 0.01
KL42-10 538.7 541.7 0.081 810 1.31 0.6 1920 570 46 174 1 5 4.5 9.5 124 0.01
KL42-10 541.7 543.2 0.61 6100 1.03 1.2 1920 410 52 115 1 8 5.6 11.8 118 0.01
KL42-10 543.2 544.7 0.0215 215 0.2 0.01 100 24 13 4 0.01 18 0.8 1.2 45 0.01
KL42-10 544.7 547.7 0.0221 221 0.17 0.01 100 20 11 17 0.01 21 0.6 1.0 45 0.01
KL42-10 547.7 550.6 0.011 110 0.05 0.01 103 19 7 0.01 0.01 20 0.5 0.6 53 0.01
KL42-10 550.6 553.6 0.024 240 0.12 0.01 130 52 24 0.01 0.01 22 0.4 1.0 50 0.01
KL42-10 553.6 556.7 0.0235 235 0.21 0.01 92 18 29 0.01 0.01 22 0.3 5.0 29 0.01
KL42-10 556.7 559.7 0.008 80 0.1 0.01 114 19 13 0.01 0.01 20 0.2 4.3 30 0.01
KL42-10 559.7 562.7 0.0091 91 0.12 0.01 89 13 25 0.01 0.01 20 0.3 5.0 58 0.01
KL42-10 562.7 565.7 0.0102 102 0.09 0.01 103 12 6 0.01 0.01 21 0.01 1.0 43 0.01
KL42-10 565.7 568.7 0.0099 99 0.09 0.01 86 10 3 0.01 0.01 22 0.01 1.1 30 0.01
KL42-10 568.7 571.7 0.045 450 0.04 0.01 78 14 3 0.01 0.01 22 0.3 1.2 35 0.01
KL42-10 571.7 574.5 0.028 280 0.01 0.01 136 28 50 2 0.01 20 3.1 0.8 54 0.11
KL42-10 574.5 576.1 0.107 1070 0.16 0.5 106 21 10 8 2 21 1.5 2.7 46 0.01
KL42-10 576.1 577.6 1.96 19600 1.98 7.1 420 62 18 25 20 31 5.9 10.5 118 0.01
KL42-10 577.6 580.7 1.25 12500 1.35 4.5 950 43 22 10 13 28 8 13.0 119 0.01
KL42-10 580.7 583.7 1.85 18500 2.32 5.1 156 18 21 12 27 22 7.5 11.5 80 0.01
KL42-10 583.7 586.7 1.54 15400 1.51 2.6 218 16 17 186 5 17 4.8 10.0 82 0.01
KL42-10 586.7 589.7 1.52 15200 1.11 3 106 11 14 17 6 16 2.4 13.5 60 0.01
KL42-10 589.7 592.7 2.38 23800 1.73 3.1 150 8 15 5 1 20 0.9 13.0 59 0.01
KL42-10 592.7 594.2 3.8 38000 1.56 5.7 570 149 25 500 6 18 3.5 36.3 61 0.12
KL42-10 594.2 595.7 0.76 7600 0.62 4.8 1280 840 18 8 5 14 3.6 12.5 99 0.01
KL42-10 595.7 597.4 0.33 3300 0.5 1.8 122 32 8 5 0.01 9 0.7 2.3 89 0.01
KL42-10 597.4 599.7 0.24 2400 0.19 1.1 820 115 7 7 1 3 0.9 4.3 130 0.11
KL42-10 599.7 601.7 0.38 3800 0.32 2.2 2040 142 42 98 5 32 5.7 23.4 59 1.17
KL42-10 601.7 604.3 0.22 2200 0.1 1 213 68 48 320 6 5 7.2 6.5 155 0.1
KL42-10 604.3 607.5 0.139 1390 0.04 0.7 37 13 10 215 5 8 4.4 10.8 135 0.01
KL42-10 607.5 610.4 0.156 1560 0.04 1.2 56 24 17 85 5 5 4.8 3.3 118 0.01
KL42-10 610.4 611.8 0.125 1250 0.04 1.1 71 13 17 37 6 8 4 7.0 105 0.01
KL42-10 611.8 613.7 0.68 6800 0.12 2.9 480 243 30 28 5 5 5 8.5 39 0.01
KL42-10 613.7 614.7 0.36 3600 0.1 1.6 420 137 11 112 4 6 1.3 5.3 112 0.01
KL42-10 614.7 617.7 0.21 2100 0.26 0.7 283 39 56 41 1 7 2.5 4.3 75 0.1
KL42-10 617.7 619.7 0.193 1930 0.82 0.5 117 52 5 6 0.01 5 0.4 1.4 36 0.01
KL42-10 619.7 622.7 0.24 2400 0.51 0.01 62 12 2 3 2 5 0.2 5.5 69 0.01
KL42-10 622.7 625.7 0.54 5400 0.93 0.6 61 15 5 4 0.01 7 0.4 2.0 68 0.01
KL42-10 625.7 628.7 1 10000 0.44 1.9 134 64 15 12 3 6 4.4 12.5 52 0.01
KL42-10 628.7 631.7 3.21 32100 0.78 14.3 1500 65 3300 32 276 28 2110 72.5 38 1.2
KL42-10 631.7 634.7 1.07 10700 0.6 4.2 112 18 260 160 5 19 101 33.0 94 0.28
KL42-10 634.7 637.7 0.199 1990 0.05 1.3 107 29 21 430 3 10 4 10.9 90 0.01
KL42-10 637.7 640.7 0.129 1290 0.05 1 154 52 37 840 4 16 5.3 18.5 232 0.01
KL42-10 640.7 643.7 0.067 670 0.03 0.7 43 16 19 111 2 3 1.3 3.0 171 0.01
KL42-10 643.7 646.7 0.154 1540 0.03 0.8 167 136 5 23 0.01 2 1.4 2.3 48 0.01
KL42-10 646.7 649.7 0.168 1680 0.04 0.6 93 51 30 65 3 3 4 3.8 110 0.01
KL42-10 649.7 652.7 0.21 2100 0.04 0.01 99 41 26 100 0.01 3 1.4 0.8 148 0.01
KL42-10 652.7 655.2 0.21 2100 0.05 1.3 226 80 76 84 1 4 3.8 3.0 169 0.01



Appendix V - 384 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL42-10 655.2 656.4 0.52 5200 0.2 12.1 3200 710 1650 83 6 6 78 3.8 185 3.64
KL42-10 656.4 658.7 0.048 480 0.04 0.5 43 19 69 75 1 3 3.7 3.5 148 0.01
KL42-10 658.7 661.7 0.147 1470 0.04 1.1 108 56 70 136 3 6 4.1 4.3 124 0.2
KL42-10 661.7 664.7 0.184 1840 0.05 1.4 139 39 140 61 4 5 18 4.3 80 0.17
KL42-10 664.7 666.5 0.146 1460 0.04 1.1 65 47 30 110 4 9 4.2 10.4 68 0.01
KL42-10 666.5 668 0.193 1930 0.05 0.5 154 243 23 60 0.01 6 2 3.5 167 0.01
KL42-10 668 670.7 0.149 1490 0.01 0.01 98 73 9 37 0.01 3 1.5 2.3 132 0.01
KL42-10 670.7 673.7 0.174 1740 0.01 0.8 176 160 5 51 0.01 5 1.1 1.5 165 0.01
KL42-10 673.7 676.7 0.25 2500 0.08 1 76 80 68 67 2 7 13.7 6.3 87 0.01
KL42-10 676.7 679.7 0.23 2300 0.03 1.4 145 65 30 78 2 9 3 6.0 78 0.01
KL42-10 679.7 682.7 0.22 2200 0.06 1.3 244 75 140 71 2 7 7 4.8 54 0.01
KL42-10 682.7 685.7 0.21 2100 0.05 1.2 264 89 130 76 2 7 7.3 4.8 59 0.01
KL42-10 685.7 688.7 0.21 2100 0.02 1.1 126 91 56 66 2 6 1.7 2.5 66 0.01
KL42-10 688.7 691.7 0.184 1840 0.03 0.9 100 34 29 171 3 7 3.5 7.0 36 0.01
KL42-10 691.7 694.7 0.22 2200 0.03 1.3 168 80 51 81 2 7 4.5 5.5 71 0.01
KL42-10 694.7 697.7 0.362 3620 0.04 1.1 57 32 19 62 2 6 1.5 2.8 29 0.01
KL42-10 697.7 699 0.298 2980 0.03 1.2 76 34 23 82 3 10 1.8 3.0 195 0.01
KL42-10 699 702 0.31 3100 0.04 0.9 60 21 21 85 2 3 1.1 3.3 170 0.01
KL42-10 702 705 0.265 2650 0.04 0.9 83 34 46 209 3 6 10 5.6 214 0.01
KL42-10 705 706.8 0.168 1680 0.05 1.8 93 58 110 312 4 7 14.5 4.3 180 0.13
KL42-10 706.8 709.7 0.096 960 0.03 0.8 67 29 33 258 2 8 5.6 4.5 290 0.1
KL42-10 709.7 710.8 0.156 1560 0.04 1.1 76 37 49 277 3 7 6.2 3.8 242 0.1
KL42-10 710.8 713.3 0.052 520 0.01 0.5 52 26 55 146 1 4 1.8 1.8 281 0.01
KL44-01 0 3 0.0232 232 0.38 2.6 2960 1480 61 70 9 1 3.9 5.5 25 0.54
KL44-01 3 6 0.0041 41 0.01 1.6 76 42 10 5 0.01 1 0.9 1.2 18 0.01
KL44-01 6 9 0.0047 47 0.08 1.1 328 325 26 13 3 1 1 2.3 16 0.01
KL44-01 9 12 0.0036 36 0.01 0.1 53 44 10 3 0.01 1 0.6 0.8 21 0.01
KL44-01 12 15 0.0043 43 0.01 0.5 68 23 7 1 0.01 1 0.6 1.4 17 0.01
KL44-01 15 18 0.0059 59 0.02 1.7 66 28 20 6 0.01 1 0.6 0.9 17 0.01
KL44-01 18 21 0.0055 55 0.01 2.6 83 46 24 6 0.01 1 1.3 1.0 14 0.01
KL44-01 21 24 0.0038 38 0.02 1 69 34 13 3 0.01 1 1.6 1.0 15 0.01
KL44-01 24 27 0.0039 39 0.01 0.5 79 31 13 4 0.01 1 1 1.4 24 0.01
KL44-01 27 30 0.0062 62 0.05 1.2 210 110 22 9 1 2 1 1.8 21 0.01
KL44-01 30 33 0.0014 14 0.03 0.5 64 36 12 2 0.01 1 3.1 0.6 22 0.26
KL44-01 33 36 0.002 20 0.07 0.6 88 44 15 3 0.01 1 3.4 0.5 19 0.43
KL44-01 36 39 0.0044 44 0.05 0.9 92 82 7 5 0.01 1 1.2 0.7 16 0.1
KL44-01 39 42 0.0028 28 0.04 1.4 261 106 8 4 1 2 2.8 1.8 18 0.01
KL44-01 42 45 0.0049 49 0.06 1.7 830 152 14 10 7 1 5.7 2.9 23 0.01
KL44-01 45 48 0.0017 17 0.02 1.2 88 38 10 2 0.01 1 2 1.6 28 0.12
KL44-01 48 51 0.0016 16 0.01 0.7 49 35 9 1 0.01 3 0.7 0.8 20 0.01
KL44-01 51 54 0.0034 34 0.02 1 121 246 16 3 0.01 1 1.4 4.5 26 0.01
KL44-01 54 57 0.0025 25 0.01 1.1 48 50 8 2 0.01 1 0.7 1.0 20 0.01
KL44-01 57 60 0.0045 45 0.01 0.9 47 27 10 7 0.01 1 1.6 1.6 21 0.12
KL44-01 60 63 0.0023 23 0.01 0.1 55 28 15 2 0.01 1 1.1 3.1 24 0.14
KL44-01 63 66 0.0041 41 0.01 1 116 74 12 5 0.01 1 1 2.6 25 0.01
KL44-01 66 69 0.0033 33 0.04 1.5 179 221 26 5 0.01 1 2.6 5.3 22 0.01
KL44-01 69 72 0.0104 104 0.07 2.7 319 680 31 19 3 1 4 9.1 23 0.32
KL44-01 72 75 0.0244 244 0.09 4.8 530 1180 35 45 8 1 4.7 29.5 37 0.34
KL44-01 75 78 0.005 50 0.03 2 420 380 27 9 3 1 2.7 9.6 30 0.01
KL44-01 78 81 0.0038 38 0.02 2.1 240 145 17 3 0.01 1 1.6 7.8 25 0.01
KL44-01 81 84 0.004 40 0.04 1 186 223 22 5 0.01 1 2.5 9.9 27 0.1
KL44-01 84 87 0.0047 47 0.03 0.9 133 268 28 6 0.01 1 2.7 4.4 25 0.22
KL44-01 87 90 0.0053 53 0.02 0.8 118 145 23 5 0.01 1 1.8 2.6 33 0.36
KL44-01 90 93 0.0039 39 0.03 1 170 630 18 3 0.01 1 2.1 7.1 28 0.01
KL44-01 93 96 0.0165 165 0.03 1.4 1280 480 42 11 7 1 2.6 9.4 46 0.01
KL44-01 96 99 0.05 500 0.05 1.4 4530 98 68 23 16 3 3.3 5.2 66 0.1
KL44-01 99 102 0.0095 95 0.08 1.5 980 440 91 254 3 1 5 3.1 43 0.12
KL44-01 102 105 0.11 1100 0.05 2.1 10400 147 60 76 41 7 3.4 13.0 73 0.11
KL44-01 105 108.3 1.59 15900 0.42 22.4 63900 940 1270 1240 490 37 17.1 56.3 69 0.68
KL44-01 108.3 112 0.18 1800 1.46 15.4 43800 1520 470 1330 376 16 17.5 63.0 114 0.4
KL44-01 112 115 0.0238 238 0.12 4.6 2510 1820 82 95 5 1 17 3.5 40 0.24
KL44-01 115 118 0.0173 173 0.24 7 3970 1600 160 820 3 1 11 4.3 35 0.38
KL44-01 118 121 0.0191 191 0.12 2.7 1400 800 49 115 2 2 5.5 2.9 30 0.12



Appendix V - 385 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-01 121 124 0.0349 349 0.49 4 3830 630 95 208 8 2 10.7 6.7 35 0.21
KL44-01 124 127 0.069 690 0.63 5.7 7600 730 240 1210 62 4 11.8 13.1 55 0.28
KL44-01 127 130 0.213 2130 0.52 13.6 8930 1730 780 131 164 11 58 25.5 59 1.25
KL44-01 130 133 0.39 3900 0.46 26.1 11900 5500 1260 1650 48 8 149 39.5 91 1.2
KL44-01 133 136 0.069 690 0.31 5.1 4000 860 120 680 29 3 18 8.5 32 0.32
KL44-01 136 139 0.0326 326 0.07 1 1040 105 100 96 2 3 4.8 2.1 18 0.52
KL44-01 139 142 0.03 300 0.07 0.8 1050 101 100 78 1 3 7.3 2.1 21 0.48
KL44-01 142 145 0.35 3500 0.52 4.4 14100 245 900 620 36 17 24 22.0 38 1.36
KL44-01 145 148 0.098 980 0.32 2.1 11000 210 170 210 34 5 10.5 7.8 32 0.5
KL44-01 148 151 0.0204 204 0.07 1.3 1120 127 43 45 27 4 5.6 6.9 23 0.14
KL44-01 151 154 0.117 1170 0.25 1.7 4630 139 270 262 9 7 11.4 7.0 35 0.7
KL44-01 154 157 0.0278 278 0.12 1.4 990 255 100 118 3 1 8.8 4.4 22 0.33
KL44-01 157 160 0.056 560 0.42 4.8 5270 500 140 192 13 2 27 9.6 42 0.22
KL44-01 160 163 0.082 820 0.52 3 9600 277 180 267 15 5 18 10.0 43 0.43
KL44-01 163 166 0.108 1080 0.48 8.1 11900 950 230 728 36 6 25 22.5 41 0.58
KL44-01 166 169 0.164 1640 2.37 20.5 43600 3500 370 401 89 25 67 43.0 75 0.55
KL44-01 169 172 0.0186 186 0.53 3.3 2840 1850 93 189 16 2 6 10.5 33 0.11
KL44-01 172 175 0.0252 252 0.23 3 1880 1730 76 102 7 1 7.2 9.0 26 0.13
KL44-01 175 178 0.0325 325 0.36 3.6 5940 1700 170 188 16 2 7.9 15.3 32 0.3
KL44-01 178 181 0.0309 309 0.44 5.1 6630 2090 200 221 26 1 5.5 21.4 34 0.18
KL44-01 181 184 0.0195 195 0.4 2.5 3320 690 110 170 15 1 3.1 5.9 30 0.14
KL44-01 184 187 0.0369 369 0.65 5 5100 2380 130 150 25 2 10 10.0 31 0.18
KL44-01 187 190 0.044 440 0.38 4.6 4290 1140 140 127 21 2 24 11.4 37 0.2
KL44-01 190 193 0.019 190 0.17 2.4 2230 410 64 99 8 3 3.8 6.3 27 0.11
KL44-01 193 195 0.0121 121 0.18 3.9 2080 1890 38 35 9 1 2.8 9.0 27 0.11
KL44-01 195 197.2 0.0073 73 0.14 2.4 890 940 32 24 7 1 2.2 4.8 18 0.01
KL44-01 197.2 200.2 0.0295 295 0.41 7.4 5300 3560 100 46 27 1 4.1 26.5 34 0.25
KL44-01 200.2 203.4 0.68 6800 1.4 3.9 43600 86 410 368 39 82 5.3 38.5 107 0.44
KL44-01 203.4 205.4 0.09 900 0.28 0.7 3000 29 100 679 6 10 1.8 8.8 20 0.14
KL44-01 205.4 208 0.091 910 0.21 0.6 790 42 100 585 4 6 1.1 4.7 38 0.1
KL44-02 0 3 0.0028 28 0.01 1.8 190 241 16 3 0.01 1 1.8 2.2 30 0.01
KL44-02 3 6 0.0114 114 0.03 0.5 70 53 23 23 0.01 1 1.3 1.0 26 0.01
KL44-02 6 9 0.0025 25 0.01 0.1 44 33 4 1 0.01 1 0.7 0.8 23 0.01
KL44-02 9 12 0.004 40 0.01 0.1 24 10 8 2 0.01 2 0.6 1.5 23 0.01
KL44-02 12 15 0.0062 62 0.02 10.2 640 480 32 3 0.01 1 5.6 7.6 22 0.1
KL44-02 15 18 0.0029 29 0.02 0.1 69 40 21 1 0.01 2 1.6 2.3 21 0.01
KL44-02 18 21 0.0046 46 0.07 1.8 510 281 35 5 2 3 2 3.8 24 0.1
KL44-02 21 24 0.0052 52 0.01 1.4 101 50 14 3 0.01 2 1.2 1.6 28 0.01
KL44-02 24 27 0.0039 39 0.02 0.9 153 40 13 17 0.01 1 2 2.0 24 0.01
KL44-02 27 30 0.0023 23 0.03 1 74 22 10 3 0.01 1 0.6 1.3 20 0.1
KL44-02 30 33 0.003 30 0.08 0.9 63 17 9 3 0.01 1 1.3 2.0 20 0.1
KL44-02 33 36 0.0032 32 0.01 0.1 33 17 7 4 0.01 1 0.6 1.4 26 0.01
KL44-02 36 39 0.0037 37 0.21 0.1 81 11 13 3 0.01 1 0.9 1.3 25 0.16
KL44-02 39 42 0.004 40 0.01 0.1 23 6 4 3 0.01 1 0.3 1.5 21 0.01
KL44-02 42 45 0.0054 54 0.11 0.1 70 30 16 2 0.01 1 1.8 2.3 27 0.18
KL44-02 45 48 0.0031 31 0.04 0.1 59 15 9 5 0.01 1 0.7 1.8 24 0.1
KL44-02 48 51 0.0021 21 0.01 0.1 30 14 2 4 0.01 1 0.8 1.0 25 0.01
KL44-02 51 54 0.0033 33 0.01 0.6 65 29 3 4 0.01 1 0.3 1.3 25 0.01
KL44-02 54 57 0.0054 54 0.06 0.1 27 14 2 3 0.01 1 0.7 1.0 23 0.13
KL44-02 57 60 0.0041 41 0.09 0.1 170 86 15 3 0.01 1 3 2.0 23 0.19
KL44-02 60 63 0.0114 114 0.41 1.9 249 137 70 3 0.01 1 7.3 4.8 37 0.67
KL44-02 63 66 0.0031 31 0.08 0.1 66 65 35 3 0.01 1 2.4 2.8 34 0.11
KL44-02 66 69 0.0042 42 1.07 2.2 272 67 240 4 2 2 6 6.3 41 0.59
KL44-02 69 72 0.0032 32 0.26 0.8 79 45 83 3 0.01 1 2.8 2.8 24 0.19
KL44-02 72 75 0.0046 46 0.07 0.8 124 78 40 2 0.01 1 2.2 3.5 26 0.14
KL44-02 75 78 0.0119 119 0.08 4.7 1210 630 37 11 22 1 1.8 24.6 45 0.01
KL44-02 78 81 0.0105 105 0.1 0.9 198 64 65 34 1 2 2.9 1.8 56 0.11
KL44-02 81 84 0.0166 166 0.13 0.7 267 208 110 9 0.01 4 4.5 2.8 67 0.01
KL44-02 84 87 0.34 3400 1.34 72 41600 3100 510 23 423 20 10.7 135.0 41 1.4
KL44-02 87 88.1 0.0128 128 0.43 7.8 4080 3480 73 7 10 1 6.2 11.3 22 0.77
KL44-02 88.1 91.1 0.101 1010 0.45 15.6 8100 4400 340 28 19 5 90 47.0 48 1.1
KL44-02 91.1 94.1 0.145 1450 3.82 64 14200 6300 960 790 35 4 36 22.5 91 3.09
KL44-02 94.1 97.1 0.052 520 2.24 18.7 6300 1440 560 3000 45 3 14.3 35.0 210 0.74



Appendix V - 386 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-02 97.1 100.1 0.026 260 0.67 5.5 2820 870 220 1200 13 2 7.5 13.0 67 0.43
KL44-02 100.1 103.1 0.0147 147 0.26 1 1010 228 170 850 2 3 5.8 5.0 48 0.1
KL44-02 103.1 106.1 0.0101 101 0.28 0.1 650 160 220 1380 2 4 8 7.5 37 0.1
KL44-02 106.1 107.8 0.0093 93 0.11 0.1 140 52 240 1330 7 2 6 11.0 32 0.01
KL44-02 107.8 110.8 0.0026 26 0.02 0.1 387 65 46 268 7 1 3.6 2.8 25 0.01
KL44-02 110.8 113.8 0.118 1180 0.29 1.6 910 115 370 430 4 3 11.1 4.0 33 0.15
KL44-02 113.8 116.8 0.0285 285 0.54 1.8 1010 177 150 450 5 3 9.3 7.0 34 0.28
KL44-02 116.8 119.7 0.0203 203 0.1 1.7 1540 730 61 75 4 1 12 4.5 31 0.12
KL44-02 119.7 122.5 0.0117 117 0.07 1.2 780 264 33 33 2 1 4 3.5 26 0.01
KL44-02 122.5 125.5 0.0358 358 0.06 1.9 2620 540 70 18 10 1 8 7.4 22 0.1
KL44-02 125.5 128.5 0.0154 154 0.08 0.5 570 73 32 33 2 1 3.4 2.8 23 0.01
KL44-02 128.5 131.9 0.0126 126 0.07 0.6 112 39 18 34 2 1 1.3 1.5 24 0.01
KL44-02 131.9 134.5 0.0128 128 0.24 1 1950 257 110 19 1 1 3.7 1.6 20 0.12
KL44-02 134.5 137.5 0.0091 91 0.07 0.7 181 73 13 63 3 2 1.1 2.0 26 0.01
KL44-02 137.5 140.5 0.0196 196 0.06 1.3 500 130 40 70 4 1 14.8 3.0 24 0.01
KL44-02 140.5 143.5 0.0103 103 0.1 0.6 331 80 16 32 3 3 1.6 2.0 24 0.01
KL44-02 143.5 146.5 0.0117 117 0.08 1.6 840 290 44 40 8 1 4.6 4.3 25 0.01
KL44-02 146.5 149.3 0.044 440 0.2 2 2090 145 120 234 11 1 16.6 4.8 33 0.14
KL44-02 149.3 152.3 0.0343 343 0.19 3.8 2600 1490 72 62 11 5 10.6 12.3 33 0.15
KL44-02 152.3 155.5 0.11 1100 0.23 0.6 62 18 1 5 0.01 10 0.01 3.2 30 0.01
KL44-02 155.5 158.3 0.0201 201 0.02 1 970 320 51 39 6 3 3.9 4.5 13 0.01
KL44-02 158.3 161.4 0.0316 316 0.01 1.6 1120 378 82 83 3 3 6.6 10.8 12 0.01
KL44-02 161.4 164.5 0.062 620 0.02 3.1 1720 1090 160 52 5 1 11.1 11.5 12 0.18
KL44-02 164.5 166.8 0.051 510 0.1 1.6 870 232 180 24 1 5 6.5 3.5 11 0.1
KL44-02 166.8 168.4 0.092 920 0.17 1.8 580 116 330 73 2 5 12.1 4.0 13 0.1
KL44-02 168.4 170.5 0.098 980 0.38 4 2960 690 370 34 5 8 15.3 7.4 12 0.28
KL44-02 170.5 173.5 0.137 1370 0.31 4.1 8200 630 420 43 5 7 15 10.0 15 0.38
KL44-02 173.5 174.5 0.097 970 0.22 3.7 2510 980 290 25 4 6 11.8 7.3 13 0.28
KL44-02 174.5 176.5 0.28 2800 0.84 8.8 6400 3300 1010 235 15 14 26 14.5 40 0.62
KL44-02 176.5 179.5 0.67 6700 0.09 14.5 9600 6700 1660 245 32 32 32 16.7 79 1.07
KL44-02 179.5 182.5 0.23 2300 0.62 5.3 5180 2670 490 89 7 36 9.6 13.5 84 0.53
KL44-02 182.5 185.5 0.19 1900 0.5 2.7 6100 2700 250 47 3 18 6.7 10.8 60 0.31
KL44-02 185.5 188.5 0.38 3800 0.43 3.4 4140 2650 350 19 2 13 5.2 7.5 42 0.01
KL44-02 188.5 191.5 0.046 460 0.31 2.5 2410 800 80 21 13 6 2.7 10.0 18 0.01
KL44-02 191.5 193.5 0.04 400 0.13 0.8 1080 257 35 14 1 6 1.7 2.8 17 0.01
KL44-02 193.5 195.7 0.33 3300 1.24 8.5 2320 1070 380 23 2 97 22 4.2 38 0.11
KL44-02 195.7 197.5 0.95 9500 0.55 12.7 29400 3200 140 25 2 94 6.3 29.0 91 0.01
KL44-02 197.5 200.5 1.46 14600 1.38 22.3 21100 118 280 38 0.01 100 4.2 27.0 134 0.39
KL44-02 200.5 203.5 4.5 45000 1.6 26.5 610 109 570 490 1 121 5.8 70.0 121 0.35
KL44-02 203.5 206.5 3.27 32700 1.4 6 355 114 390 250 4 70 4.7 32.5 96 0.5
KL44-02 206.5 207.9 2.23 22300 0.8 2.1 580 78 130 118 8 88 2.6 56.3 113 0.1
KL44-02 207.9 209.7 0.49 4900 0.51 1.4 220 67 61 241 14 24 5.9 21.0 102 0.01
KL44-02 209.7 212.6 0.79 7900 0.28 1.9 96 59 34 1200 8 13 2.2 15.3 43 0.01
KL44-02 212.6 215.5 1.33 13300 0.37 4.3 110 78 50 1350 11 16 2 18.0 40 0.01
KL44-02 215.5 218.5 0.41 4100 0.54 4.9 195 117 65 1350 34 6 1.5 8.8 56 0.01
KL44-02 218.5 221.5 0.64 6400 0.58 3.2 232 131 68 3160 24 8 2.3 11.0 54 0.01
KL44-02 221.5 223.3 1.2 12000 0.8 7.8 225 219 180 2700 95 11 8.3 12.2 56 0.01
KL44-02 223.3 225.2
KL44-02 225.2 227.5 7.56 75600 3.28 36 2200 580 250 760 7 86 15 27.5 107 0.01
KL44-02 227.5 230.5 1.44 14400 2.72 16.5 3000 560 400 40 0.01 59 26 15.5 62 0.01
KL44-02 230.5 233.5 1.38 13800 2.04 19.7 55500 1580 710 48 1 140 32 44.5 93 0.01
KL44-02 233.5 236.5 1.44 14400 2.44 14.2 17500 2400 340 144 2 60 22 15.5 41 0.01
KL44-02 236.5 239.5 0.94 9400 0.72 7.7 27300 1120 120 22 2 61 4.1 36.0 85 0.1
KL44-02 239.5 241.2 0.156 1560 2.28 17.8 2800 1670 1350 23 2 90 57 4.5 53 0.12
KL44-02 241.2 243.1 0.0224 224 0.31 10.2 6700 2300 220 26 0.01 1 12.3 1.5 19 0.01
KL44-02 243.1 245.5 0.0116 116 0.11 1.5 760 430 62 17 0.01 1 2.6 1.1 16 0.01
KL44-02 245.5 247.8 0.022 220 0.3 2.3 5450 2270 280 31 1 1 12.7 3.0 24 0.01
KL44-02 247.8 249 0.092 920 2.85 25.1 12600 10200 600 35 2 4 33 7.0 30 0.23
KL44-02 249 253 0.0118 118 0.75 1 690 385 200 13 0.01 1 11.5 3.5 14 0.01
KL44-02 253 255.7 0.124 1240 8.69 71 39400 37900 650 27 3 3 81 9.5 39 0.16
KL44-02 255.7 258.1 0.102 1020 2.67 27.6 14700 9250 1000 134 4 6 52 13.2 24 0.39
KL44-02 258.1 259.9 0.24 2400 0.68 6.2 2470 1670 510 57 5 118 26 11.8 35 0.31
KL44-02 259.9 263.1 0.0162 162 0.26 1.2 670 570 120 19 0.01 3 6.3 2.3 20 0.28



Appendix V - 387 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-02 263.1 265.8 0.0351 351 0.71 3.4 7800 930 600 18 2 4 14.1 1.6 18 0.47
KL44-02 265.8 267.7 0.0151 151 0.36 1.6 1840 340 230 20 1 1 5.5 1.3 17 0.19
KL44-02 267.7 269.5 0.0142 142 0.47 1.7 940 365 170 18 2 3 11.5 3.3 23 0.31
KL44-02 269.5 272.5 0.18 1800 0.44 1.7 2350 710 120 55 3 11 13.8 4.0 31 0.3
KL44-02 272.5 275.5 0.0058 58 0.18 0.6 950 325 140 16 0.01 2 7.7 1.5 24 0.17
KL44-02 275.5 278.5 0.0219 219 0.09 4.3 1860 2600 67 33 1 5 5.6 1.5 20 0.01
KL44-02 278.5 281.5 0.0206 206 0.24 4.9 3770 1810 120 21 1 3 6.2 3.3 23 0.01
KL44-02 281.5 284.5 0.0065 65 0.1 0.8 820 395 52 4 0.01 2 1.5 0.9 18 0.01
KL44-02 284.5 287.5 0.0096 96 0.7 1 1620 375 310 21 2 4 6.4 3.3 26 0.18
KL44-02 287.5 290.5 0.0225 225 1.18 1.6 3540 1460 430 17 1 4 11.1 3.7 23 0.21
KL44-02 290.5 293.5 0.055 550 0.16 0.6 710 229 99 29 0.01 6 3.3 2.4 23 0.11
KL44-02 293.5 296.5 0.0098 98 0.19 0.5 480 157 86 21 1 4 2.6 1.7 28 0.1
KL44-02 296.5 299.5 0.0257 257 0.26 1.8 1360 1030 73 69 0.01 6 2.7 0.8 35 0.01
KL44-02 299.5 301.7 0.099 990 0.15 2.8 3130 4960 58 98 1 12 3.9 2.5 31 0.01
KL44-02 301.7 304.6 8.59 85900 2.72 55 14400 4100 230 16 3 282 7.6 100.0 35 0.01
KL44-02 304.6 306.7 0.135 1350 2.85 7 6900 5200 480 58 2 7 23 4.7 31 0.32
KL44-02 306.7 308.5 0.027 270 2.77 11.1 17000 12200 450 80 1 4 36 4.0 31 0.24
KL44-02 308.5 311.5 0.093 930 1.36 3 1310 1040 210 56 4 12 14.6 2.3 66 0.01
KL44-02 311.5 314.5 0.53 5300 1.66 5.3 1980 430 440 55 8 51 13.2 11.5 48 0.01
KL44-02 314.5 317.5 0.55 5500 1.76 4.9 294 321 530 131 40 68 5.9 17.5 130 0.01
KL44-02 317.5 320.5 0.084 840 1.68 4.3 3790 2110 170 36 45 100 3.8 9.5 78 0.01
KL44-02 320.5 323.5 0.59 5900 1.92 6.9 820 710 160 74 20 45 2.4 15.3 100 0.01
KL44-02 323.5 326.5 2.64 26400 3 17.6 270 141 100 267 8 64 1.2 33.0 92 0.01
KL44-02 326.5 329.5 0.45 4500 1.82 5.1 260 267 180 102 54 40 2.6 39.5 41 0.01
KL44-02 329.5 331.4 0.307 3070 0.8 7.6 1500 960 180 51 52 61 1.3 53.8 23 0.01
KL44-02 331.4 333 0.312 3120 1.08 4.1 1780 310 330 103 31 56 6.4 12.0 31 0.01
KL44-02 333 335.5 0.045 450 0.73 2.3 3550 560 80 7 14 6 5.4 2.4 30 0.14
KL44-02 335.5 338.5 0.022 220 1.66 3.4 10000 1300 150 18 31 3 14.4 1.5 30 0.14
KL44-02 338.5 341.5 0.016 160 0.22 1.8 5410 2410 44 17 7 3 2.4 1.0 18 0.01
KL44-02 341.5 344.5 0.0198 198 0.24 3.7 6800 6000 53 12 3 3 5.4 3.0 25 0.01
KL44-02 344.5 347.5 0.0398 398 0.05 0.1 231 172 4 10 0.01 4 0.4 0.0 16 0.01
KL44-02 347.5 350.5 0.0182 182 0.02 0.1 460 510 3 13 0.01 2 0.7 0.0 15 0.01
KL44-02 350.5 353.5 0.051 510 0.1 1.4 1820 670 26 18 12 5 1.1 5.8 26 0.01
KL44-02 353.5 356.5 0.0267 267 0.75 1.3 249 375 39 12 5 6 7.4 6.5 49 0.01
KL44-02 356.5 359.5 0.0074 74 0.11 0.1 182 80 9 22 1 4 1.5 1.0 26 0.01
KL44-02 359.5 361.5 0.005 50 0.03 0.1 210 103 4 12 1 3 0.4 0.0 18 0.01
KL44-02 361.5 363.2 0.059 590 0.24 2.3 1150 368 30 16 17 4 0.6 3.0 24 0.01
KL44-02 363.2 365.5 0.364 3640 2.4 5.8 1530 1160 160 41 45 6 6.4 18.7 49 0.01
KL44-02 365.5 368.5 0.43 4300 1.34 4.8 3360 2090 80 85 6 46 6.6 21.5 98 0.01
KL44-02 368.5 371.5 1.59 15900 1.18 19.1 1060 630 39 93 2 75 2.7 38.0 41 0.01
KL44-02 371.5 374.5 0.84 8400 0.8 10.5 720 407 76 284 2 46 4.2 16.5 33 0.01
KL44-02 374.5 377.5 1.49 14900 1.28 8.7 2700 850 150 45 4 109 6.5 26.3 42 0.01
KL44-02 377.5 380.5 0.45 4500 1.2 3.5 1980 2360 260 75 7 39 19.7 17.5 35 0.01
KL44-02 380.5 383.2 1.48 14800 1.68 8.1 2700 470 250 63 6 72 19 22.5 26 0.01
KL44-02 383.2 384.4 1.17 11700 2.82 12.2 8900 1350 160 45 28 68 20 27.0 53 0.1
KL44-02 384.4 386.5 0.52 5200 2.8 13.8 9600 5000 58 98 20 40 14 103.0 54 0.16
KL44-02 386.5 389.5 0.068 680 1.4 4.4 5260 3660 59 40 12 9 19.4 56.8 142 0.12
KL44-02 389.5 392.5 0.0368 368 0.32 1.8 406 980 80 78 5 5 9.8 11.8 39 0.14
KL44-02 392.5 395.5 0.144 1440 0.43 9.4 6900 1830 460 414 29 12 8.7 31.5 42 0.1
KL44-02 395.5 398.5 0.008 80 0.13 0.1 285 149 73 15 1 3 3 1.0 23 0.17
KL44-02 398.5 401.5 0.0132 132 0.3 1.8 368 253 140 22 6 3 8.9 5.0 28 0.01
KL44-02 401.5 404.5 0.064 640 0.61 6.4 6400 1000 430 81 14 36 11.3 12.5 30 0.13
KL44-02 404.5 407.5 0.0224 224 0.37 1.2 1010 630 220 36 3 5 9 5.3 36 0.01
KL44-02 407.5 410.5 0.0214 214 0.16 0.1 141 55 77 25 1 6 3.4 2.3 32 0.01
KL44-02 410.5 413.5 0.0218 218 0.15 4.7 2650 980 120 42 4 6 10.1 6.6 27 0.1
KL44-02 413.5 416.5 0.0153 153 0.5 0.8 2140 1030 180 25 1 6 8.7 4.8 29 0.01
KL44-02 416.5 419.5 0.0116 116 0.07 0.7 291 201 47 12 1 4 1.9 2.0 16 0.01
KL44-02 419.5 422.5 0.0069 69 0.08 0.1 158 76 38 12 1 4 1.7 1.3 16 0.01
KL44-02 422.5 424.6 0.0124 124 0.12 0.1 209 108 55 10 2 6 2.2 2.0 21 0.01
KL44-02 424.6 426.2 0.27 2700 0.42 1.7 90 50 42 27 14 14 1.8 10.4 23 0.01
KL44-02 426.2 428.5 1.26 12600 3.14 4.6 430 55 150 500 39 63 4.8 28.0 51 0.01
KL44-02 428.5 431.5 1.74 17400 1.74 4.2 225 69 69 354 3 40 1.8 23.5 35 0.01
KL44-02 431.5 434.5 0.27 2700 0.32 0.7 221 164 78 215 4 7 2.7 4.8 31 0.01



Appendix V - 388 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-02 434.5 437.5 0.083 830 0.58 1.1 220 306 220 1500 4 7 11.1 5.0 30 0.01
KL44-02 437.5 439.9 0.4 4000 1.12 1.7 277 186 310 1220 12 10 11.4 11.6 50 0.01
KL44-02 439.9 440.9 0.23 2300 0.14 1 340 183 140 258 1 8 4.8 4.5 42 0.01
KL44-02 440.9 443.5 0.45 4500 0.27 1.9 650 318 910 441 3 7 4.4 7.3 153 0.01
KL44-02 443.5 445.9 0.0035 35 0.03 0.1 25 15 5 6 0.01 1 0.01 0.0 10 0.01
KL44-02 445.9 448 0.151 1510 0.17 0.9 264 139 180 119 3 4 2.1 4.7 125 0.1
KL44-02 448 451 0.22 2200 0.08 0.6 137 87 68 280 2 5 2.3 2.3 56 0.01
KL44-02 451 453.5 0.65 6500 0.26 7 147 1650 35 3620 15 11 3.2 11.0 88 0.1
KL44-02 453.5 455.5 0.57 5700 0.27 8.2 280 840 30 1150 16 9 3.7 10.8 38 0.1
KL44-02 455.5 458.5 0.39 3900 0.16 3.4 164 259 30 1000 30 7 3 5.0 80 0.01
KL44-02 458.5 461.4 0.7 7000 0.39 2 650 161 210 1370 1 8 3.5 8.3 122 0.1
KL44-02 461.4 464.3 1.47 14700 1.37 3.4 216 131 250 52 1 12 4.5 15.0 42 0.1
KL44-02 464.3 467.4 1.4 14000 1.76 2.6 41 14 190 14 2 50 5.5 21.8 30 0.01
KL44-02 467.4 469.2 1.36 13600 1.85 3.6 67 26 280 4 5 123 12.3 33.0 84 0.01
KL44-02 469.2 471.3 1.6 16000 5 6.8 84 36 410 43 41 53 8 23.8 43 0.01
KL44-02 471.3 473.5 0.082 820 0.43 0.6 58 37 120 14 17 4 4.1 4.9 28 0.01
KL44-02 473.5 476.5 0.0053 53 0.04 0.1 25 14 14 3 0.01 1 0.5 0.6 14 0.01
KL44-02 476.5 479.5 0.042 420 0.23 0.1 110 25 100 161 2 1 1.9 3.1 22 0.01
KL44-02 479.5 482.5 0.0115 115 0.04 0.1 12 6 3 3 0.01 3 0.2 0.0 30 0.01
KL44-02 482.5 485.5 0.104 1040 0.29 0.1 101 43 110 70 4 6 2.4 3.9 33 0.01
KL44-02 485.5 488.5 0.098 980 0.38 0.8 1370 600 180 76 4 5 4.5 2.7 28 0.01
KL44-02 488.5 491.5 0.0265 265 0.22 0.1 61 33 130 33 1 3 5.3 2.3 21 0.01
KL44-02 491.5 494.5 0.046 460 0.17 0.1 74 35 110 23 2 3 4.8 4.4 22 0.01
KL44-02 494.5 497.5 0.0218 218 0.06 0.1 25 14 46 6 0.01 2 2.9 2.1 20 0.01
KL44-02 497.5 500.5 0.0081 81 0.02 0.1 13 13 20 4 0.01 1 0.8 1.4 14 0.01
KL44-02 500.5 503.5 0.005 50 0.02 0.1 20 15 15 3 0.01 4 0.8 1.5 14 0.01
KL44-02 503.5 506.5 0.0172 172 0.03 0.1 48 20 41 7 0.01 1 1.8 1.8 24 0.01
KL44-02 506.5 509.5 0.009 90 0.02 0.1 16 14 19 8 0.01 3 0.9 1.1 18 0.01
KL44-02 509.5 512.5 0.0146 146 0.05 0.1 27 13 38 8 2 2 1 1.7 23 0.01
KL44-02 512.5 515.5 0.0032 32 0.02 0.1 9 12 15 3 0.01 3 0.7 1.4 17 0.01
KL44-02 515.5 518.5 0.0036 36 0.02 0.1 13 16 15 5 0.01 1 0.5 1.2 19 0.01
KL44-02 518.5 521.5 0.003 30 0.02 0.1 20 12 33 5 0.01 5 0.6 1.3 20 0.01
KL44-02 521.5 524.5 0.0072 72 0.02 0.1 19 20 47 9 0.01 3 0.8 1.3 25 0.01
KL44-02 524.5 527.5 0.0222 222 0.07 0.1 25 14 68 9 0.01 2 1.6 2.5 25 0.01
KL44-02 527.5 530.5 0.0027 27 0.02 0.1 13 14 24 7 0.01 3 0.5 1.1 23 0.01
KL44-02 530.5 533.5 0.0035 35 0.04 0.1 39 25 34 10 0.01 4 0.6 1.7 24 0.01
KL44-02 533.5 536.5 0.0037 37 0.03 0.1 15 16 26 9 0.01 4 0.6 1.7 19 0.01
KL44-02 536.5 539.5 0.0054 54 0.02 0.1 8 13 6 6 0.01 1 0.3 1.1 13 0.01
KL44-02 539.5 542.5 0.0019 19 0.01 0.1 5 12 8 5 0.01 4 0.01 1.1 18 0.01
KL44-02 542.5 545.5 0.0023 23 0.04 0.1 10 15 22 6 0.01 3 0.5 2.2 32 0.01
KL44-02 545.5 548.5 0.0015 15 0.02 0.1 7 12 4 3 0.01 3 0.2 0.7 18 0.01
KL44-02 548.5 551.5 0.002 20 0.01 0.1 6 10 5 3 0.01 4 0.01 0.5 19 0.01
KL44-02 551.5 554.5 0.0023 23 0.01 0.1 7 13 4 2 0.01 2 0.01 0.5 18 0.01
KL44-02 554.5 557.5 0.0031 31 0.01 0.1 6 15 3 3 0.01 1 0.01 0.6 20 0.01
KL44-02 557.5 560.5 0.0044 44 0.02 0.1 20 24 18 10 0.01 1 0.6 1.2 23 0.01
KL44-02 560.5 563.5 0.0047 47 0.01 0.1 26 16 15 11 0.01 1 0.3 0.6 17 0.01
KL44-02 563.5 566.5 0.0045 45 0.02 0.1 15 12 20 10 0.01 1 0.3 1.9 20 0.01
KL44-02 566.5 569.5 0.0038 38 0.01 0.1 17 10 11 10 0.01 1 0.01 0.7 18 0.01
KL44-02 569.5 572.5 0.0038 38 0.01 0.1 29 12 13 8 0.01 1 0.3 1.2 26 0.01
KL44-02 572.5 575.5 0.0057 57 0.02 0.1 30 24 17 10 0.01 2 0.2 1.1 25 0.01
KL44-02 575.5 578.5 0.0176 176 0.02 0.1 42 15 42 6 0.01 2 0.3 1.4 21 0.01
KL44-02 578.5 581.5 0.0331 331 0.14 0.1 84 33 81 18 1 1 3.5 2.4 20 0.01
KL44-02 581.5 584.5 0.0097 97 0.03 0.1 65 31 26 7 0.01 1 0.5 1.6 24 0.01
KL44-02 584.5 587.5 0.0071 71 0.02 0.1 50 32 21 6 0.01 1 0.3 1.5 25 0.01
KL44-02 587.5 590.5 0.0107 107 0.02 0.1 67 52 27 6 0.01 2 1.2 3.3 28 0.01
KL44-02 590.5 593.5 0.0046 46 0.02 0.1 52 31 36 8 0.01 3 0.6 2.0 24 0.01
KL44-02 593.5 596.5 0.0034 34 0.01 0.1 103 102 22 3 0.01 1 0.5 1.2 21 0.01
KL44-02 596.5 599.5 0.0047 47 0.01 0.1 386 144 19 2 0.01 1 0.6 0.9 22 0.01
KL44-02 599.5 602.5 0.0046 46 0.01 0.1 188 61 15 3 0.01 1 0.4 0.6 23 0.01
KL44-02 602.5 605.5 0.0035 35 0.01 0.1 26 30 21 10 0.01 1 0.2 0.5 16 0.01
KL44-02 605.5 608.5 0.0037 37 0.01 0.1 27 50 40 9 0.01 1 0.4 0.7 26 0.01
KL44-02 608.5 611.5 0.0047 47 0.06 0.1 79 144 64 5 0.01 3 1.3 2.5 40 0.01
KL44-02 611.5 614.5 0.0048 48 0.02 0.7 43 50 21 3 0.01 2 0.7 1.8 21 0.01



Appendix V - 389 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-02 614.5 617.5 0.0042 42 0.02 0.7 35 25 33 7 0.01 1 1.2 2.1 29 0.01
KL44-02 617.5 620.5 0.003 30 0.02 0.1 33 16 23 6 0.01 2 0.6 2.9 27 0.01
KL44-02 620.5 623.5 0.0023 23 0.04 0.1 50 37 59 7 0.01 1 0.9 3.2 29 0.01
KL44-02 623.5 626.5 0.0017 17 0.05 0.1 37 20 76 23 0.01 1 1.4 3.8 38 0.01
KL44-02 626.5 629.5 0.0024 24 0.03 0.1 34 11 41 8 0.01 2 0.8 4.0 30 0.01
KL44-02 629.5 632.5 0.0013 13 0.06 0.6 56 22 82 19 0.01 3 1.1 6.3 42 0.01
KL44-02 632.5 635.5 0.0021 21 0.04 0.1 78 107 42 9 1 2 0.7 5.5 29 0.01
KL44-02 635.5 638.5 0.0015 15 0.02 0.1 27 10 16 7 0.01 1 0.2 1.6 23 0.01
KL44-02 638.5 640.3 0.0012 12 0.04 0.1 26 12 9 3 0.01 1 0.01 0.7 15 0.01
KL44-02 640.3 643 0.0036 36 0.07 0.1 74 16 11 8 0.01 1 0.2 2.2 20 0.01
KL44-02 643 644.6 0.0019 19 0.08 0.1 36 14 13 6 0.01 1 0.01 2.0 21 0.01
KL44-02 644.6 647.5 0.0021 21 0.08 0.1 252 700 80 6 0.01 2 1.3 6.5 21 0.01
KL44-02 647.5 650.5 0.0018 18 0.13 0.1 162 177 34 14 0.01 2 0.9 7.3 32 0.01
KL44-02 650.5 653.5 0.003 30 0.09 0.1 131 155 30 5 1 1 0.2 1.8 26 0.01
KL44-02 653.5 655.7 0.0032 32 0.17 0.1 113 61 24 9 0.01 1 0.4 3.6 32 0.01
KL44-02 655.7 658.8 0.0029 29 0.19 0.1 78 16 18 5 0.01 1 0.01 1.8 24 0.01
KL44-02 658.8 661.8 0.0046 46 0.09 0.1 94 53 14 3 0.01 1 0.01 0.6 13 0.01
KL44-02 661.8 664.2 0.0095 95 0.18 0.1 165 67 28 18 5 1 0.3 1.8 12 0.01
KL44-02 664.2 665.5 0.0067 67 0.15 0.7 260 85 27 6 3 3 0.6 2.5 15 0.01
KL44-02 665.5 668.5 0.0059 59 0.08 0.1 68 20 15 8 2 2 0.01 0.5 17 0.01
KL44-02 668.5 670.6 0.055 550 0.1 1 830 34 26 6 1 2 0.01 4.1 13 0.01
KL44-02 670.6 672.4 0.0043 43 0.04 0.1 197 47 9 3 1 1 0.01 1.4 14 0.01
KL44-02 672.4 674 0.0187 187 0.08 0.1 56 18 41 116 4 1 0.01 3.1 15 0.01
KL44-02 674 676.4 0.0073 73 0.06 0.1 110 15 15 43 4 1 0.2 0.9 8 0.01
KL44-02 676.4 679.5 0.067 670 0.24 0.1 110 20 43 43 5 1 2 2.2 16 0.01
KL44-02 679.5 682.5 0.0204 204 0.13 0.1 71 48 34 8 4 2 1 1.6 18 0.01
KL44-02 682.5 685.3 0.0097 97 0.08 0.1 246 120 20 20 3 2 0.2 1.8 16 0.01
KL44-02 685.3 688 0.013 130 0.16 10.9 4800 4000 69 43 4 1 16 3.5 19 0.26
KL44-02 688 690.5 0.0191 191 0.12 1.7 700 620 43 75 13 1 0.9 3.1 18 0.01
KL44-02 690.5 693.6 0.0223 223 0.15 0.8 430 259 44 89 7 1 1.1 3.7 20 0.01
KL44-02 693.6 695.5 0.011 110 0.06 0.1 520 129 28 21 2 1 0.5 1.1 14 0.01
KL44-02 695.5 698.5 0.0089 89 0.09 0.9 1410 403 23 13 2 1 2.2 2.5 16 0.1
KL44-02 698.5 701 0.0125 125 0.03 0.1 40 17 5 23 0.01 2 0.01 0.0 12 0.01
KL44-02 701 703.3 0.0065 65 0.07 0.1 45 24 12 4 1 2 0.01 0.7 16 0.01
KL44-02 703.3 705.4 0.0043 43 0.05 0.1 30 16 8 5 1 1 0.2 0.6 15 0.01
KL44-02 705.4 706.7 0.051 510 0.14 0.5 336 157 34 167 3 3 2.6 7.2 114 0.01
KL44-02 706.7 709.2 0.0153 153 0.05 0.1 144 77 12 13 2 2 0.2 1.8 15 0.01
KL44-02 709.2 711.1 0.0042 42 0.01 0.1 47 13 4 9 0.01 2 0.2 0.6 10 0.01
KL44-02 711.1 714.2 0.0034 34 0.02 0.1 163 14 5 10 0.01 1 0.01 0.0 20 0.01
KL44-02 714.2 716.2 0.0041 41 0.04 0.1 39 16 7 10 0.01 1 0.01 0.0 12 0.01
KL44-02 716.2 719.3 0.0084 84 0.03 0.1 40 29 8 7 1 1 0.2 0.0 15 0.01
KL44-02 719.3 722.3 0.0044 44 0.02 0.1 91 25 7 3 0.01 1 0.01 0.0 12 0.01
KL44-02 722.3 723.8 0.0078 78 0.05 0.1 236 100 10 2 0.01 2 0.01 0.6 10 0.01
KL44-02 723.8 727 0.0152 152 0.07 0.1 281 130 14 12 1 1 0.3 1.0 12 0.01
KL44-02 727 729.6 0.0259 259 0.14 0.1 289 214 37 8 0.01 1 1.2 1.7 14 0.01
KL44-02 729.6 731.7 0.059 590 0.15 0.1 112 30 39 12 0.01 1 1.6 1.6 14 0.01
KL44-02 731.7 734.5 0.063 630 0.23 0.8 105 26 38 23 0.01 3 1.1 1.7 17 0.01
KL44-02 734.5 736.5 0.046 460 0.13 0.1 110 16 20 20 0.01 1 0.5 1.3 14 0.01
KL44-02 736.5 739.5 0.0026 26 0.06 0.1 77 17 2 3 0.01 2 0.01 0.0 13 0.01
KL44-02 739.5 740.8 0.0038 38 0.08 0.1 165 16 6 4 0.01 1 0.2 0.0 15 0.01
KL44-02 740.8 743.9 0.0046 46 0.07 0.1 75 13 7 3 0.01 1 0.7 0.0 13 0.01
KL44-02 743.9 746.5 0.22 2200 0.35 2.4 8700 58 90 10 1 38 0.5 14.8 14 0.01
KL44-02 746.5 749.5 0.0071 71 0.04 0.7 242 83 11 3 0.01 1 0.2 0.7 12 0.01
KL44-02 749.5 752.5 0.072 720 0.18 0.8 241 52 70 8 0.01 3 0.01 1.1 10 0.01
KL44-02 752.5 755.5 0.0042 42 0.05 0.1 80 17 9 3 0.01 2 0.4 0.0 10 0.01
KL44-02 755.5 758.5 0.0284 284 0.13 0.8 322 97 18 12 2 1 0.5 2.3 14 0.01
KL44-02 758.5 761.5 0.059 590 0.09 0.6 136 27 7 6 1 3 0.3 1.1 11 0.01
KL44-02 761.5 764.5 0.0109 109 0.05 0.1 152 50 19 3 1 1 0.2 0.8 10 0.01
KL44-02 764.5 766.7 0.0292 292 0.07 0.1 156 43 17 1 0.01 1 1.7 0.9 8 0.01
KL44-02 766.7 769.7 0.192 1920 0.35 1.4 420 177 120 130 2 6 1.2 4.8 19 0.01
KL44-02 769.7 771.3 0.0314 314 0.07 0.6 215 66 29 6 1 3 0.01 1.4 8 0.01
KL44-02 771.3 773.5 0.005 50 0.03 0.1 122 30 6 2 0.01 3 0.01 0.0 11 0.01
KL44-02 773.5 776.6 0.0038 38 0.12 0.1 172 52 6 3 0.01 1 0.6 0.0 14 0.01



Appendix V - 390 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-02 776.6 779.5 0.0206 206 0.49 1.8 1250 960 24 2 2 3 2.2 2.2 22 0.01
KL44-02 779.5 781.6 0.005 50 0.03 0.1 135 58 6 2 0.01 1 0.01 0.0 14 0.01
KL44-02 781.6 783.8 0.0071 71 0.03 0.1 123 58 10 4 0.01 1 0.01 0.5 13 0.01
KL44-02 783.8 786.7 0.0047 47 0.03 0.1 162 76 10 3 1 1 0.01 0.9 13 0.01
KL44-02 786.7 788.3 0.0042 42 0.04 0.1 208 50 12 3 1 1 0.01 1.2 15 0.01
KL44-02 788.3 790.6 0.0125 125 0.04 0.1 195 70 11 4 1 1 0.01 1.5 12 0.01
KL44-02 790.6 793 0.0045 45 0.04 0.1 470 209 8 4 0.01 1 0.2 2.1 13 0.01
KL44-02 793 794.5 0.0038 38 0.04 0.1 380 104 14 5 0.01 1 0.5 1.0 15 0.01
KL44-02 794.5 797.5 0.0044 44 0.03 0.1 163 83 6 5 0.01 1 0.3 1.0 13 0.01
KL44-02 797.5 800 0.0057 57 0.04 0.1 223 103 11 5 0.01 1 0.01 4.2 19 0.01
KL44-02 800 803.1 0.0068 68 0.05 0.1 237 59 23 7 0.01 1 0.2 2.1 21 0.01
KL44-02 803.1 806.2 0.014 140 0.2 0.1 370 165 33 167 0.01 3 1.3 1.9 42 0.01
KL44-02 806.2 809.3 0.13 1300 0.37 1.1 660 138 62 80 1 5 2.7 2.4 58 0.01
KL44-02 809.3 812.4 0.066 660 0.43 1.2 1250 440 63 283 4 3 5 4.8 46 0.01
KL44-02 812.4 815.5 0.106 1060 0.61 2.1 2600 550 140 98 10 7 8.3 3.7 99 0.01
KL44-02 815.5 818.5 0.17 1700 0.75 3.7 2600 1280 120 131 8 15 8.8 9.5 85 0.01
KL44-02 818.5 821.5 0.251 2510 0.4 1.6 810 155 58 16 2 6 4.1 3.3 51 0.01
KL44-02 821.5 823.9 1.46 14600 1.97 8.5 3900 2300 83 157 2 32 17.5 11.2 127 0.01
KL44-02 823.9 825.5 0.64 6400 1.16 6.5 2840 540 87 44 8 17 2.7 10.2 23 0.01
KL44-02 825.5 827.5 0.457 4570 0.77 6.7 3510 850 98 43 28 8 2.3 12.0 22 0.01
KL44-02 827.5 830.5 0.72 7200 1.23 20.3 28000 7800 200 76 78 12 10.3 24.5 25 0.15
KL44-02 830.5 832.9 0.29 2900 0.86 8.5 10200 3700 180 51 42 3 5 15.0 24 0.1
KL44-02 832.9 835.3 0.021 210 0.11 0.8 2150 1210 36 9 4 1 1.3 3.3 18 0.01
KL44-02 835.3 836.5 0.0337 337 0.32 3.5 4040 3660 84 18 14 1 2.2 12.9 22 0.1
KL44-02 836.5 838.8 0.0041 41 0.07 0.1 670 335 13 2 2 1 0.3 2.4 14 0.01
KL44-03 47.8 50.2
KL44-03 50.2 52.9
KL44-03 52.9 55.9
KL44-03 55.9 59
KL44-03 59 62.1
KL44-03 62.1 65.2
KL44-03 65.2 68.3
KL44-03 68.3 71.4
KL44-03 71.4 74.5
KL44-03 74.5 77.5
KL44-03 77.5 80.7
KL44-03 80.7 83.8
KL44-03 83.8 86.8
KL44-03 86.8 89.6
KL44-03 89.6 91
KL44-03 91 92
KL44-03 92 94.7
KL44-03 94.7 97.4
KL44-03 97.4 100.2
KL44-03 100.2 103.1
KL44-03 103.1 105.5
KL44-03 105.5 107.8
KL44-03 107.8 110
KL44-03 110 112.2
KL44-03 112.2 113.8
KL44-03 113.8 116.8
KL44-03 116.8 118.7
KL44-03 118.7 120.4
KL44-03 120.4 122.8
KL44-03 122.8 125
KL44-03 125 128.8
KL44-03 128.8 130.6
KL44-03 130.6 133.4
KL44-03 161 163.2
KL44-03 163.2 164.8 0.0121 121 0.2 1.7 386 450 81 120 6 1 4.2 5.5 26 0.01
KL44-03 164.8 167.8 0.017 170 0.12 3 570 780 77 114 14 1 8.8 10.0 30 0.01
KL44-03 167.8 170.8 0.062 620 0.18 9.5 4530 6300 180 158 22 1 30 27.7 33 0.01
KL44-03 170.8 173.5 0.007 70 0.06 1.5 1380 1030 24 21 5 1 1.8 8.8 14 0.01



Appendix V - 391 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-03 173.5 176.4 0.0048 48 0.05 1.3 640 730 16 16 4 1 1.6 5.3 15 0.01
KL44-03 176.4 179.1 0.0381 381 0.09 3.2 2570 2480 73 100 8 1 10.3 14.6 11 0.01
KL44-03 179.1 182.8 0.015 150 0.05 1.5 640 500 39 9 5 1 6 4.0 13 0.01
KL44-03 182.8 185.5 0.0345 345 0.06 1.2 900 224 130 11 6 1 7.2 4.3 16 0.01
KL44-03 185.5 188.8 0.117 1170 0.1 20.4 1610 3300 350 38 60 1 25 40.0 15 0.01
KL44-03 188.8 191.4 0.044 440 0.04 2.6 800 620 150 23 6 1 5.1 4.0 13 0.01
KL44-03 191.4 194.7 0.0114 114 0.07 1.7 990 890 50 14 6 1 3.8 5.0 15 0.01
KL44-03 194.7 197.6 0.0187 187 0.1 2.2 1400 1160 52 22 9 1 3.7 8.8 14 0.01
KL44-03 197.6 200.8 0.057 570 0.2 3.9 4700 3900 59 29 14 1 2.4 13.8 18 0.01
KL44-03 200.8 203.8 0.0161 161 0.35 2.3 800 550 72 26 9 1 2.2 5.0 18 0.1
KL44-03 203.8 207.2 0.093 930 0.45 12 5900 1830 240 72 68 1 25 18.5 21 0.22
KL44-03 207.2 209.8 0.101 1010 0.25 5 2240 850 330 108 32 1 15.2 9.3 16 0.1
KL44-03 209.8 212.8 0.065 650 0.13 1.8 1340 210 180 67 18 1 5.9 7.0 16 0.12
KL44-03 212.8 215.3 0.081 810 0.22 2.5 2600 261 240 54 24 1 8 10.5 15 0.22
KL44-03 215.3 217 0.0338 338 0.11 1.6 3800 90 48 32 44 1 0.9 9.6 13 0.01
KL44-03 217 220 0.04 400 0.1 1.2 930 109 50 16 16 1 1.1 5.5 14 0.01
KL44-03 220 221.9 0.057 570 0.1 1.1 1600 115 150 13 7 1 1.2 5.3 13 0.01
KL44-03 221.9 224.8 0.0268 268 0.06 1.6 1670 530 61 17 26 1 1.2 6.0 15 0.01
KL44-03 224.8 226.7 0.56 5600 0.53 10.8 5500 480 530 57 84 11 2.8 60.8 31 0.23
KL44-03 226.7 228.6 0.83 8300 0.97 9.4 3780 400 1040 60 38 46 7.7 41.5 60 0.48
KL44-03 228.6 230.8 0.102 1020 0.15 1.6 1080 108 260 33 9 2 2.5 7.3 19 0.01
KL44-03 230.8 233.8 0.074 740 0.15 1.5 2990 312 150 17 26 3 2.6 7.5 18 0.12
KL44-03 233.8 235.7 0.162 1620 0.26 2.2 6700 440 440 14 40 3 5.6 15.0 23 0.2
KL44-03 235.7 238.8 0.65 6500 0.5 3.6 5200 180 680 13 9 5 9.3 15.0 25 0.12
KL44-03 238.8 241.8 0.33 3300 0.45 5.1 9200 346 170 24 28 6 3.1 27.3 26 0.15
KL44-03 241.8 243.6 0.121 1210 0.19 0.8 1200 84 170 43 6 4 5.2 6.0 16 0.1
KL44-03 243.6 244.8 0.198 1980 0.27 1.2 336 49 650 7 28 3 12.8 13.0 18 0.24
KL44-03 244.8 247.9 0.23 2300 0.47 1.7 1140 60 770 16 22 5 25 19.4 37 0.38
KL44-03 247.9 251 0.94 9400 1.34 4.2 500 77 3500 46 22 31 55 53.5 56 1.05
KL44-03 251 253.1 0.51 5100 1 2.3 400 126 2030 36 9 14 35 13.5 33 0.57
KL44-03 253.1 254.8 0.141 1410 0.17 0.9 490 43 450 11 3 4 4.1 4.5 17 0.1
KL44-03 254.8 257.8 0.58 5800 0.72 1.4 710 76 520 9 8 25 4.6 33.5 75 0.2
KL44-03 257.8 260.8 0.52 5200 0.88 2.2 570 32 200 22 7 22 11.2 18.3 52 0.42
KL44-03 260.8 263.8 0.58 5800 0.96 3.3 3200 123 1070 15 3 12 5.8 18.0 53 0.34
KL44-03 263.8 266.8 0.26 2600 0.33 1.7 960 48 77 27 1 16 3.4 2.3 53 0.01
KL44-03 266.8 269.8 0.55 5500 0.67 1.3 178 48 100 28 1 21 4.7 13.5 35 0.01
KL44-03 269.8 272.8 0.4 4000 0.29 3.6 5500 6400 130 359 3 18 3.8 13.3 33 0.38
KL44-03 272.8 275.8 0.39 3900 0.33 6.8 11800 8600 260 580 3 25 3.7 14.6 137 0.58
KL44-03 275.8 278.8 0.23 2300 0.37 2.3 790 650 500 31 0.01 17 7.5 8.5 78 0.1
KL44-03 278.8 281.5 0.24 2400 0.31 1.9 1150 309 310 269 0.01 20 6.8 5.0 55 0.18
KL44-03 281.5 283.3 0.64 6400 0.32 2 4350 250 350 156 0.01 29 3.4 10.8 120 0.16
KL44-03 283.3 284.8 0.21 2100 0.39 1.1 500 100 78 810 0.01 17 2.3 6.9 100 0.01
KL44-03 284.8 287.8 0.64 6400 0.67 1.8 370 102 57 132 0.01 16 2.1 11.5 31 0.01
KL44-03 287.8 290.8 0.505 5050 0.52 2.4 120 22 45 22 0.01 10 1.6 8.3 47 0.01
KL44-03 290.8 293.8 1.03 10300 0.55 2.3 118 14 40 80 0.01 19 2.4 13.0 54 0.01
KL44-03 293.8 296.8 0.61 6100 0.46 1.8 67 13 32 153 0.01 16 1.1 22.0 26 0.01
KL44-03 296.8 299.8 0.26 2600 0.26 0.9 1220 167 240 16 0.01 20 2.3 10.8 26 0.01
KL44-03 299.8 302.8 0.387 3870 0.31 0.6 68 20 10 40 0.01 18 0.3 6.3 34 0.01
KL44-03 302.8 305.8 0.99 9900 0.65 2.2 79 10 17 87 0.01 21 0.8 9.5 27 0.01
KL44-03 305.8 308.8 0.61 6100 0.54 1.4 293 52 53 27 0.01 15 1.2 10.5 44 0.22
KL44-03 308.8 311.8 0.407 4070 0.29 0.9 83 14 23 173 0.01 14 0.7 6.8 39 0.1
KL44-03 311.8 314.8 0.344 3440 0.4 1.3 560 30 86 145 0.01 30 1.2 10.3 55 0.01
KL44-03 314.8 317.8 1.07 10700 0.43 3.8 1790 148 250 154 1 35 3.4 12.2 31 0.16
KL44-03 317.8 320.8 0.62 6200 0.32 1.2 780 122 95 39 0.01 18 6 9.0 46 0.01
KL44-03 320.8 323.8 0.76 7600 0.44 1.2 141 41 79 24 0.01 14 3.3 7.3 47 0.01
KL44-03 323.8 326.8 0.8 8000 0.52 1.7 191 73 51 36 0.01 17 2 9.3 65 0.01
KL44-03 326.8 329.8 0.425 4250 0.41 1.9 2520 3600 180 67 1 19 5.4 13.2 78 0.38
KL44-03 329.8 332.8 0.346 3460 0.21 1 311 112 230 120 0.01 11 6.6 3.0 30 0.1
KL44-03 332.8 335.8 0.438 4380 0.27 1.5 81 45 8 79 0.01 9 0.8 4.9 20 0.01
KL44-03 335.8 337 0.364 3640 0.21 1.1 81 24 8 27 0.01 10 0.5 4.0 14 0.01
KL44-03 337 338.8 0.57 5700 0.37 1.2 133 40 37 7 0.01 20 2.6 7.0 33 0.01
KL44-03 338.8 341.8 0.54 5400 0.45 1.3 141 52 60 235 1 19 4.8 6.3 36 0.01
KL44-03 341.8 344.8 0.78 7800 0.43 1.4 870 213 110 138 2 32 5.7 8.8 30 0.01



Appendix V - 392 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-03 344.8 346.9 0.6 6000 0.73 1.3 9800 5400 280 7 0.01 10 8.2 10.5 59 0.52
KL44-03 346.9 349.8 0.225 2250 0.65 1.8 5420 1920 230 30 0.01 12 4.6 9.0 33 0.27
KL44-03 349.8 351.3 0.85 8500 0.71 0.8 8400 3800 330 19 0.01 12 5.3 11.6 76 0.42
KL44-03 351.3 353.8 0.475 4750 0.92 1.4 20800 12900 350 12 0.01 10 10 12.0 41 0.54
KL44-03 353.8 356.7 0.24 2400 0.23 0.8 71 31 15 158 0.01 10 0.2 7.0 32 0.01
KL44-03 356.7 359.2 0.58 5800 0.32 0.6 360 80 35 69 0.01 29 2.9 11.0 37 0.01
KL44-03 359.2 362.3 0.65 6500 0.41 0.8 500 195 20 80 1 41 1.3 17.3 33 0.01
KL44-03 362.3 364.5 1.1 11000 0.71 1.3 144 161 12 28 2 23 0.6 14.8 19 0.01
KL44-03 364.5 366.8 0.66 6600 0.28 0.8 54 37 11 265 5 11 0.6 15.5 54 0.01
KL44-03 366.8 369.6 0.384 3840 0.11 0.6 54 84 6 79 2 8 0.7 11.5 17 0.01
KL44-03 369.6 372 0.26 2600 0.07 0.5 85 60 7 70 0.01 7 0.4 14.0 18 0.01
KL44-03 372 374.3 0.414 4140 0.53 1.6 75 12 3 88 2 9 0.5 7.8 17 0.01
KL44-03 374.3 377.4 0.33 3300 0.25 0.7 69 31 9 149 1 18 0.7 13.5 16 0.01
KL44-03 377.4 380.5 1.53 15300 0.94 4.5 297 228 31 45 24 25 1.9 37.2 31 0.01
KL44-03 380.5 383.6 1.1 11000 0.79 2.8 85 36 6 37 6 17 1.2 19.8 20 0.01
KL44-03 383.6 386.7 1.16 11600 0.78 4.8 256 14 6 94 14 25 0.9 19.3 23 0.01
KL44-03 386.7 389.8 2.01 20100 1.89 11.7 375 119 42 10 12 28 2.8 26.8 68 0.11
KL44-03 389.8 392.8 0.45 4500 0.68 6.5 990 115 43 3 16 14 1.5 7.0 22 0.01
KL44-03 392.8 395.8 0.17 1700 0.27 2.3 870 48 27 4 11 7 1 2.0 15 0.01
KL44-03 395.8 398.8 0.82 8200 0.27 3.9 1020 256 36 2 6 8 1.5 1.6 16 0.01
KL44-03 398.8 401.8 0.22 2200 0.2 2.4 870 168 52 2 7 10 1.4 2.5 19 0.01
KL44-03 401.8 404.8 0.83 8300 0.9 9.4 610 28 28 69 60 46 1.1 11.8 31 0.01
KL44-03 404.8 407.8 1.34 13400 0.99 11.5 890 51 17 14 32 31 1.6 14.7 26 0.01
KL44-03 407.8 410.8 0.56 5600 0.41 4 550 50 33 6 13 24 1.1 9.0 20 0.01
KL44-03 410.8 413.8 1.42 14200 0.75 7.8 690 30 24 6 8 45 2 5.0 21 0.01
KL44-03 413.8 416.8 2.02 20200 1.76 7.6 670 226 41 12 8 26 1.8 8.5 20 0.01
KL44-03 416.8 419.8 2.14 21400 1.45 5.9 285 34 15 5 5 27 1.8 10.5 23 0.01
KL44-03 419.8 422.5
KL44-03 422.5 425.6
KL44-03 425.6 428.7
KL44-03 428.7 431.8
KL44-03 431.8 434.8
KL44-03 434.8 437.8
KL44-03 437.8 440.4
KL44-03 440.4 443.4
KL44-03 443.4 446.3
KL44-03 446.3 447.3
KL44-03 447.3 449.8
KL44-03 449.8 452.8
KL44-03 452.8 455.8
KL44-03 455.8 458.8
KL44-03 458.8 461.8
KL44-03 461.8 464.8
KL44-03 464.8 467.8
KL44-03 467.8 470.8
KL44-03 470.8 473.8
KL44-03 473.8 476.8
KL44-03 476.8 479.8
KL44-03 479.8 482.8
KL44-03 482.8 485.8
KL44-03 485.8 488.8
KL44-03 488.8 491.8
KL44-03 491.8 494.8
KL44-03 494.8 497.8
KL44-03 497.8 500.8
KL44-03 500.8 503.8
KL44-03 503.8 506.8
KL44-03 506.8 509.8
KL44-03 509.8 512.8
KL44-03 512.8 515.4
KL44-03 515.4 518.6
KL44-03 518.6 521.7
KL44-03 521.7 524.8



Appendix V - 393 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-03 524.8 526.6
KL44-03 526.6 528.5
KL44-03 528.5 528.8
KL44-03 528.8 533.8
KL44-03 533.8 536.8
KL44-03 536.8 539.8
KL44-03 539.8 542.8
KL44-03 542.8 545.8
KL44-03 545.8 548.8
KL44-03 548.8 551.8
KL44-03 551.8 554.8
KL44-03 554.8 557.8
KL44-03 557.8 560.8
KL44-03 560.8 563.8
KL44-03 563.8 566.8
KL44-03 566.8 570.9
KL44-03 570.9 572.8
KL44-03 572.8 575.8
KL44-03 575.8 578.8
KL44-03 578.8 581.8
KL44-03 581.8 584.8
KL44-03 584.8 587.8
KL44-03 587.8 591.8
KL44-03 591.8 594.8
KL44-03 594.8 596.8
KL44-03 596.8 599.8
KL44-03 599.8 602.8
KL44-03 602.8 605.8
KL44-03 605.8 608.8
KL44-03 608.8 611.8
KL44-03 611.8 614.8
KL44-03 614.8 617.9
KL44-03 617.9 620.8
KL44-03 620.8 623.8
KL44-03 623.8 626.8
KL44-03 626.8 629.8
KL44-03 629.8 632.8
KL44-03 632.8 635.8
KL44-03 635.8 638.8
KL44-03 638.8 641.6
KL44-03 641.6 644.8
KL44-03 644.8 647.8
KL44-03 647.8 650.8
KL44-03 650.8 653.8
KL44-03 653.8 656.8
KL44-03 656.8 659.8
KL44-03 659.8 662.8
KL44-03 662.8 665.8
KL44-03 665.8 668.8
KL44-03 668.8 671.8
KL44-03 671.8 674.8
KL44-03 674.8 677.8
KL44-03 677.8 680
KL44-03 680 682.8
KL44-03 682.8 686.8
KL44-03 686.8 689.8
KL44-03 689.8 692.8
KL44-03 692.8 695.8 1.72 17200 1.26 3.3 88 12 2 98 1 18 0.01 17.5 26 0.01
KL44-03 695.8 698.8 1.73 17300 1.04 3.4 72 7 4 219 1 19 0.01 12.5 11 0.01
KL44-03 698.8 701.8 1.27 12700 0.94 2.4 80 22 14 31 1 13 0.5 17.0 30 0.01
KL44-03 701.8 704.8 1.02 10200 0.84 2.3 69 16 31 23 2 10 0.6 12.5 29 0.01
KL44-03 704.8 707.6 0.9 9000 0.83 1.8 54 19 34 32 1 10 0.8 15.8 26 0.01
KL44-03 707.6 710.7 0.63 6300 0.43 1.5 100 24 34 15 3 11 4.8 17.8 28 0.01



Appendix V - 394 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-03 710.7 713.8 1.1 11000 0.47 3.7 47 10 60 21 4 5 0.9 34.6 43 0.01
KL44-03 713.8 716.8 1.06 10600 0.53 2.6 68 16 26 107 1 11 0.5 21.8 26 0.01
KL44-03 716.8 719.8 1.18 11800 0.67 2.4 80 61 25 101 2 39 4 22.5 25 0.01
KL44-03 719.8 722.8 1.04 10400 1.18 2.3 79 16 51 86 8 29 5.7 24.8 32 0.01
KL44-03 722.8 725.8 0.78 7800 1.21 2.6 82 13 38 15 15 14 3.5 35.5 29 0.01
KL44-03 725.8 728.8 0.128 1280 0.22 0.8 48 18 30 8 13 14 2.8 9.3 22 0.01
KL44-03 728.8 731.8 0.513 5130 0.45 2.1 37 9 35 8 3 19 0.9 36.6 35 0.01
KL44-03 731.8 735.2 0.523 5230 0.37 2 45 12 50 11 15 14 2.8 41.0 40 0.01
KL44-03 735.2 737.7 0.126 1260 0.19 0.9 32 19 25 6 14 6 1.3 7.3 17 0.01
KL44-03 737.7 740.8 0.63 6300 0.54 1.8 58 9 40 12 12 10 1.1 27.0 30 0.01
KL44-03 740.8 743.8 0.148 1480 0.16 1 50 29 23 6 5 11 1.2 7.3 20 0.01
KL44-03 743.8 746.8 0.0203 203 0.03 0.1 36 14 2 3 2 3 0.01 1.3 17 0.01
KL44-03 746.8 749.8 0.0319 319 0.01 0.8 29 14 2 5 4 2 0.01 1.8 20 0.01
KL44-03 749.8 752.8 0.067 670 0.08 1 27 12 10 3 18 2 0.01 1.3 18 0.01
KL44-03 752.8 756.1 0.56 5600 0.63 2.1 145 21 23 16 3 20 7.5 6.8 21 0.01
KL44-03 756.1 758.8 1.42 14200 0.79 3.7 402 22 20 5 1 20 0.3 9.5 19 0.01
KL44-03 758.8 761.8 1.37 13700 0.7 3.4 301 18 21 5 2 23 0.5 9.5 37 0.01
KL44-03 761.8 764.5 1.05 10500 0.66 2.7 245 86 18 4 3 16 0.4 8.2 21 0.01
KL44-03 764.5 767.6 1.34 13400 0.84 2.7 224 17 37 7 1 19 0.5 7.5 17 0.01
KL44-03 767.6 770.7 1.43 14300 0.74 1.6 233 80 29 12 2 13 0.9 15.0 29 0.01
KL44-03 770.7 773.8 0.95 9500 0.61 1.3 102 13 23 32 0.01 12 0.6 7.0 35 0.01
KL44-03 773.8 776.8 1.26 12600 0.7 1.7 121 9 25 142 0.01 15 0.3 11.0 21 0.01
KL44-03 776.8 779.8 1.05 10500 0.57 1.5 146 11 14 7 1 12 0.3 8.4 22 0.01
KL44-03 779.8 782.9 1.38 13800 0.72 1.8 115 17 17 76 0.01 14 0.3 12.5 26 0.01
KL44-03 782.9 785.8 1.29 12900 0.57 1.7 131 19 29 12 0.01 13 0.3 10.5 20 0.01
KL44-03 785.8 788.8 1.37 13700 0.75 1.8 165 17 16 26 1 19 0.3 11.0 21 0.01
KL44-03 788.8 791.8 1.21 12100 0.77 3.8 358 29 25 79 5 24 0.4 10.5 24 0.01
KL44-03 791.8 794.8 1.17 11700 0.51 2.5 193 24 12 15 2 21 0.01 8.2 15 0.01
KL44-03 794.8 797.8 0.9 9000 0.34 1.6 122 47 9 234 1 22 0.01 8.8 22 0.01
KL44-03 797.8 800.8 0.491 4910 0.25 0.7 146 68 9 82 2 16 0.4 6.5 25 0.01
KL44-03 800.8 803.8 0.88 8800 0.26 2 470 305 11 34 1 21 0.8 13.5 18 0.01
KL44-03 803.8 806.8 0.307 3070 0.12 0.8 69 30 3 71 0.01 12 0.01 4.3 15 0.01
KL44-03 806.8 809.8 0.074 740 0.02 0.1 35 24 2 22 0.01 3 0.01 1.5 13 0.01
KL44-03 809.8 812.8 0.425 4250 0.14 1.4 113 15 7 23 1 12 0.01 4.3 18 0.01
KL44-03 812.8 815.8 0.363 3630 0.19 1.2 88 29 8 154 1 22 0.4 7.5 25 0.01
KL44-03 815.8 818.8 1.42 14200 0.67 4.1 420 10 5 4 2 31 0.01 10.5 29 0.01
KL44-03 818.8 822.4 1.64 16400 0.96 11.4 900 21 5 16 6 39 0.3 15.5 32 0.01
KL44-03 822.4 824.1 0.88 8800 0.45 4.7 510 57 10 9 3 97 0.01 14.2 38 0.01
KL44-03 824.1 827.2 0.372 3720 0.25 3.8 3950 370 41 40 8 8 9.5 11.4 33 0.72
KL44-03 827.2 830.3 0.186 1860 0.09 1.3 267 28 9 52 3 8 0.01 6.5 33 0.01
KL44-03 830.3 833.3 0.146 1460 0.06 0.9 156 19 8 17 1 4 0.01 5.8 26 0.01
KL44-03 833.3 836.5 0.312 3120 0.16 1.6 316 118 5 7 1 6 0.01 5.3 23 0.01
KL44-03 836.5 839.6 0.136 1360 0.07 0.8 173 14 5 3 0.01 4 0.01 2.3 23 0.01
KL44-03 839.6 842.7 0.261 2610 0.13 1.1 375 16 3 11 0.01 7 0.01 3.5 23 0.01
KL44-03 842.7 845.8 0.379 3790 0.28 2.5 334 40 7 6 9 4 0.2 10.0 41 0.01
KL44-03 845.8 848.8 0.488 4880 0.19 1.6 189 20 5 9 0.01 8 0.01 13.9 36 0.01
KL44-03 848.8 851.1 0.298 2980 0.16 0.7 228 20 5 6 0.01 14 0.01 9.2 35 0.01
KL44-03 851.1 854.2 0.92 9200 0.52 1.4 131 13 1 93 0.01 31 0.01 12.1 34 0.01
KL44-03 854.2 856.5 0.79 7900 0.36 1.6 271 123 45 67 4 24 0.2 7.8 29 0.01
KL44-03 856.5 857.8 0.0298 298 0.05 0.1 313 51 14 234 1 3 0.6 1.5 25 0.01
KL44-03 857.8 860.8 0.099 990 0.03 0.6 58 21 3 52 2 3 0.01 1.5 28 0.01
KL44-03 860.8 863.8 0.184 1840 0.02 0.8 76 9 1 22 0.01 9 0.01 2.5 43 0.01
KL44-03 863.8 866.8 0.84 8400 0.81 1.2 164 13 3 134 4 20 0.6 9.8 41 0.01
KL44-03 866.8 868.8 1.17 11700 0.76 2.5 242 14 5 3 71 25 0.01 8.5 57 0.01
KL44-03 868.8 870.7 0.172 1720 0.09 1 56 11 1 77 2 4 0.01 2.8 11 0.01
KL44-03 870.7 872.8 0.232 2320 0.05 1.4 78 42 4 25 2 3 0.01 4.3 51 0.01
KL44-03 872.8 875.8 0.119 1190 0.02 0.1 122 70 6 176 2 6 0.01 4.0 32 0.01
KL44-03 875.8 879 0.148 1480 0.03 0.7 157 52 2 229 1 3 0.01 2.8 17 0.01
KL44-03 879 881.8 0.248 2480 0.04 1.3 346 150 5 67 2 5 0.01 6.8 105 0.01
KL44-03 881.8 884.8
KL44-03 884.8 887.8
KL44-03 887.8 890.8
KL44-03 890.8 892.7



Appendix V - 395 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-03 892.7 895.8
KL44-03 895.8 898.9
KL44-03 898.9 902
KL44-03 902 905.1
KL44-03 905.1 908.2
KL44-03 908.2 909.9
KL44-03 909.9 912.3
KL44-03 912.3 914.4
KL44-03 914.4 917.5
KL44-03 917.5 920.6
KL44-03 920.6 923.7
KL44-03 923.7 924.1
KL44-03 924.1 926.8
KL44-03 926.8 929.8
KL44-03 929.8 932.8
KL44-03 932.8 935.8
KL44-03 935.8 938.1
KL44-03 938.1 941.2
KL44-03 941.2 944.3
KL44-03 944.3 947.4
KL44-03 947.4 950.4
KL44-04 0 2.5 0.0088 88 0.01 0.7 121 78 12 4 0.01 1 0.6 1.3 16 0.01
KL44-04 2.5 5.1 0.005 50 0.01 0.8 90 56 8 3 0.01 1 0.5 1.2 17 0.01
KL44-04 5.1 8.1 0.0064 64 0.01 0.7 137 107 8 2 0.01 1 0.5 1.6 23 0.01
KL44-04 8.1 11.2 0.0047 47 0.01 0.6 55 50 10 3 0.01 1 0.2 1.7 25 0.01
KL44-04 11.2 14.3 0.0073 73 0.01 0.8 109 85 9 3 0.01 1 0.5 2.1 31 0.01
KL44-04 14.3 17.4 0.0028 28 0.01 0.9 54 34 7 3 0.01 1 0.5 1.5 22 0.01
KL44-04 17.4 20.5 0.0023 23 0.01 0.1 99 28 12 3 0.01 1 1 1.8 23 0.01
KL44-04 20.5 23.6 0.0022 22 0.01 0.1 16 17 9 3 0.01 1 0.5 0.7 18 0.01
KL44-04 23.6 26.6 0.0027 27 0.01 0.1 48 61 8 3 0.01 1 0.01 2.1 23 0.01
KL44-04 26.6 29.6 0.002 20 0.01 0.1 101 36 3 1 0.01 1 0.01 0.0 19 0.01
KL44-04 29.6 32.5 0.0073 73 0.01 0.1 30 24 5 1 0.01 1 0.01 0.5 23 0.01
KL44-04 32.5 35.6 0.0039 39 0.01 0.1 36 28 2 1 0.01 1 0.01 0.0 17 0.01
KL44-04 35.6 38.6 0.004 40 0.18 0.1 47 45 23 2 0.01 1 1.6 1.1 22 0.01
KL44-04 38.6 41.6 0.0034 34 1.22 2.5 132 75 35 1 0.01 1 3.7 2.9 30 0.38
KL44-04 41.6 44.5 0.0023 23 0.15 0.7 150 76 22 1 0.01 1 1.7 2.3 28 0.15
KL44-04 44.5 47.5 0.0033 33 0.14 1 75 49 45 3 0.01 1 2.5 3.2 47 0.25
KL44-04 47.5 50.6 0.0063 63 0.07 2.4 700 247 44 2 0.01 1 2.3 4.3 32 0.2
KL44-04 50.6 53.6 0.007 70 0.03 0.1 128 38 29 3 0.01 1 0.8 1.1 38 0.01
KL44-04 53.6 56.6 0.008 80 0.01 0.1 70 31 13 19 0.01 1 1.1 1.1 17 0.01
KL44-04 56.6 59.6 0.0022 22 0.01 0.1 24 18 12 2 0.01 1 0.01 1.0 15 0.01
KL44-04 59.6 62.6 0.0032 32 0.01 0.1 31 27 14 2 0.01 1 0.5 1.7 20 0.01
KL44-04 62.6 65.6 0.004 40 0.01 0.1 50 32 13 2 0.01 1 0.7 1.6 20 0.01
KL44-04 65.6 68.6 0.0023 23 0.01 0.1 44 27 15 1 0.01 1 0.5 1.7 21 0.01
KL44-04 68.6 71.6 0.0027 27 0.01 0.1 190 127 16 3 0.01 1 1.6 3.3 17 0.01
KL44-04 71.6 74.6 0.0018 18 0.01 0.7 35 39 17 3 0.01 1 1.1 2.4 21 0.01
KL44-04 74.6 77.6 0.0021 21 0.01 0.8 55 69 16 2 0.01 1 1 1.5 20 0.01
KL44-04 77.6 80.6 0.003 30 0.01 1.8 157 150 16 2 0.01 1 1.3 2.6 25 0.01
KL44-04 80.6 83.3 0.004 40 0.01 3.3 89 150 19 4 0.01 1 1.2 1.8 23 0.01
KL44-04 83.3 86.4 0.0092 92 0.01 16 5600 5100 53 6 0.01 1 14.4 57.6 22 0.01
KL44-04 86.4 89.5 0.0036 36 0.01 2.1 264 430 16 5 0.01 1 2.4 2.6 27 0.01
KL44-04 89.5 92.6 0.066 660 0.05 110 41500 37800 180 12 5 4 80 395.0 25 0.17
KL44-04 92.6 95.6 0.0039 39 0.03 9.1 4100 1420 42 4 0.01 1 3.3 31.5 16 0.29
KL44-04 95.6 98.6 0.0037 37 0.08 6.2 1550 1150 73 7 0.01 1 5.1 18.2 22 0.53
KL44-04 98.6 101.6 0.0038 38 0.02 2 420 413 77 6 0.01 1 3.1 2.8 21 0.31
KL44-04 101.6 104.6 0.0022 22 0.02 2.4 284 316 33 5 0.01 1 1.9 4.1 25 0.15
KL44-04 104.6 107.6 0.0033 33 0.01 1.4 110 118 22 3 0.01 1 1 1.1 25 0.1
KL44-04 107.6 110.6 0.002 20 0.01 1.8 169 151 21 7 0.01 2 4.4 3.4 31 0.52
KL44-04 110.6 113.6 0.006 60 0.02 1.1 560 164 17 6 0.01 1 4 2.1 25 0.46
KL44-04 113.6 116.6 0.0028 28 0.01 1.1 159 153 26 4 0.01 1 3.9 2.8 30 0.26
KL44-04 116.6 119.6 0.0017 17 0.01 0.8 70 73 14 4 0.01 1 1.1 1.0 24 0.01
KL44-04 119.6 122.6 0.0034 34 0.01 0.6 55 83 17 4 0.01 1 1 1.7 26 0.01
KL44-04 122.6 125.6 0.0038 38 0.02 1 164 147 34 3 0.01 1 2.3 1.7 29 0.12



Appendix V - 396 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-04 125.6 128.6 0.0026 26 0.06 2.8 376 600 36 2 0.01 2 5.6 3.6 22 0.67
KL44-04 128.6 131.6 0.0018 18 0.01 0.8 88 183 34 3 0.01 2 1.6 8.7 21 0.16
KL44-04 131.6 134.6 0.0031 31 0.03 0.1 101 124 19 3 0.01 1 2 1.9 17 0.01
KL44-04 134.6 137.6 0.0033 33 0.07 0.1 116 93 59 2 0.01 2 3.3 2.6 16 0.16
KL44-04 137.6 140.6 0.0022 22 0.05 0.1 312 381 41 2 0.01 1 2.1 1.8 17 0.01
KL44-04 140.6 143.6 0.0026 26 0.03 0.1 415 600 42 2 0.01 1 3.4 1.9 20 0.01
KL44-04 143.6 146.6 0.0032 32 0.02 0.6 120 111 36 2 0.01 1 3.7 3.5 24 0.1
KL44-04 146.6 149.6 0.0022 22 0.02 0.1 106 176 27 3 0.01 1 1.3 3.1 29 0.1
KL44-04 149.6 152.6 0.0073 73 0.02 0.8 274 143 31 7 0.01 3 14.2 1.5 21 0.14
KL44-04 152.6 155.6 0.0288 288 0.09 3.5 1140 420 120 6 1 1 70 9.5 27 0.72
KL44-04 155.6 158.6 0.0076 76 0.13 1.1 930 311 100 17 5 2 34 5.2 28 0.17
KL44-04 158.6 161.6 0.0127 127 0.19 2.3 1030 412 130 6 5 1 17.1 7.5 22 0.37
KL44-04 161.6 164.6 0.0066 66 0.22 1.9 580 271 100 4 2 2 10.6 4.2 31 0.26
KL44-04 164.6 167.6 0.0062 62 0.1 2 3200 1190 120 3 0.01 1 7.8 2.0 28 0.31
KL44-04 167.6 170.6 0.006 60 0.03 0.7 930 269 83 2 0.01 2 8 3.2 30 0.16
KL44-04 170.6 173.6 0.0224 224 0.02 1 890 352 54 2 2 1 4.4 2.5 30 0.32
KL44-04 173.6 176.6 0.0025 25 0.21 0.6 2050 359 140 16 2 2 17.3 5.4 65 2.09
KL44-04 176.6 179.6 0.0132 132 0.11 0.1 239 61 120 4 0.01 3 10.2 1.8 73 0.13
KL44-04 179.6 182.6 0.0105 105 0.77 0.1 420 197 140 17 0.01 2 12.3 5.8 100 0.94
KL44-04 182.6 185.6 0.009 90 1.31 0.1 342 153 91 17 1 6 13.3 5.8 94 0.84
KL44-04 185.6 188.2 0.63 6300 1.18 41 11000 10300 610 75 88 50 9.9 30.0 72 0.56
KL44-04 188.2 189.8 0.835 8350 1.16 295 109000 96000 2600 18 344 14 540 164.0 92 19.8
KL44-04 189.8 191.6 1.06 10600 1.32 107 28500 26600 1920 135 52 4 590 27.0 125 8.4
KL44-04 191.6 193.1 4.77 47700 3.13 257 11800 4100 16000 93 150 3 2780 32.5 180 21
KL44-04 193.1 194.6 0.34 3400 0.25 95 8000 12400 1240 16 10 2 820 8.6 186 4.39
KL44-04 194.6 196.5 0.136 1360 0.27 40 8300 9300 490 26 8 1 222 7.3 127 2.3
KL44-04 196.5 198.7 0.0377 377 0.81 34 18300 16300 230 14 2 3 136 18.5 157 3.86
KL44-04 198.7 200.6 0.06 600 1.34 37 24300 14700 290 140 2 3 178 15.0 130 4.41
KL44-04 200.6 203.6 0.0341 341 1.83 39 18500 11400 330 35 0.01 4 86 12.8 125 5.7
KL44-04 203.6 206.6 0.0186 186 1.73 16.5 7700 5700 300 247 0.01 1 60 6.6 96 0.81
KL44-04 206.6 208.6 0.0071 71 0.62 6.7 4200 1670 140 5 0.01 1 20 2.8 160 0.44
KL44-04 208.6 210.2 0.0064 64 0.79 7.8 3520 3200 160 10 0.01 1 22 5.1 103 0.41
KL44-04 210.2 211.8 0.0045 45 0.44 3.4 1790 1380 90 13 0.01 1 10.8 3.8 106 0.2
KL44-04 211.8 214.9 0.0047 47 0.08 0.7 770 403 22 10 0.01 1 4.4 1.0 143 0.11
KL44-04 214.9 216.4 0.0406 406 0.12 2 1190 1690 82 3 2 1 58 4.2 40 0.16
KL44-04 216.4 218.5 0.0156 156 0.06 0.9 720 366 35 3 1 3 15.4 1.4 24 0.12
KL44-04 218.5 221.4 0.003 30 0.22 3.1 1560 1260 61 187 0.01 1 8.8 2.2 122 0.27
KL44-04 221.4 224.6 0.0035 35 0.53 3.9 5900 2690 160 126 4 1 17 9.2 65 0.91
KL44-04 224.6 226.5 0.0022 22 0.1 0.8 1570 480 75 77 0.01 1 8 3.5 92 0.12
KL44-04 226.5 229.6 0.0143 143 0.2 0.6 1360 276 43 26 0.01 1 5.8 3.6 38 0.1
KL44-04 229.6 231.1 0.0095 95 0.12 0.8 750 178 37 5 0.01 1 3.7 1.3 24 0.01
KL44-04 231.1 233.6 0.0025 25 0.53 2.2 4130 1220 110 29 0.01 3 15.8 5.8 90 0.24
KL44-04 233.6 236.6 0.0126 126 0.56 1.2 3000 820 130 17 0.01 4 24 3.1 64 0.21
KL44-04 236.6 239.5 0.0021 21 0.17 0.6 1190 252 61 18 0.01 1 7.1 2.0 74 0.11
KL44-04 239.5 242.6 0.003 30 1.02 1.4 3420 1100 190 62 0.01 1 28 7.3 93 0.52
KL44-04 242.6 245.6 0.0017 17 0.88 1.1 2940 510 180 35 0.01 1 32 5.1 149 0.54
KL44-04 245.6 248.6 0.0038 38 0.74 1.9 1580 470 250 1020 1 2 34 7.4 51 0.75
KL44-04 248.6 249.8 0.0057 57 0.76 1.7 2860 440 260 620 1 2 36 5.9 48 0.88
KL44-04 249.8 253.9 0.0029 29 0.5 1.1 1840 283 110 201 0.01 1 19.8 2.6 59 0.52
KL44-04 253.9 256.5 0.006 60 1.78 2.2 5250 1610 370 179 1 3 62 4.1 84 3.68
KL44-04 256.5 259 0.008 80 2 11.8 3810 3640 390 1800 38 9 50 32.0 60 2.22
KL44-04 259 262.2 0.19 1900 0.56 3.3 1750 880 710 54 6 40 37 41.0 64 0.35
KL44-04 262.2 264.5 0.0032 32 0.12 0.1 940 277 54 24 2 1 4.4 2.5 30 0.01
KL44-04 264.5 267.4 0.0125 125 0.17 2.1 1480 1040 89 46 4 1 20 14.8 34 0.21
KL44-04 267.4 270.4 0.0061 61 0.12 2.3 1830 1400 58 15 7 1 6.2 17.7 19 0.15
KL44-04 270.4 272.9 0.0242 242 0.15 1.1 298 196 100 139 4 1 15.4 4.3 18 0.1
KL44-04 272.9 275.5 0.0197 197 0.13 2.1 1210 480 140 106 37 1 28 6.5 20 0.12
KL44-04 275.5 278.7 0.0059 59 0.12 0.8 480 171 33 51 14 1 6.9 3.0 18 0.01
KL44-04 278.7 281.6 0.0047 47 0.02 0.1 302 148 27 28 3 1 9.3 4.8 18 0.01
KL44-04 281.6 284.6 0.0142 142 0.06 0.7 1080 411 75 21 3 1 15.3 7.1 26 0.13
KL44-04 284.6 287.5 0.0042 42 0.09 0.6 1010 208 63 10 7 1 6.2 3.2 22 0.01
KL44-04 287.5 289.5 0.0058 58 0.02 2 910 1670 18 14 12 1 2.8 19.3 17 0.01
KL44-04 289.5 291.7 0.0016 16 0.02 0.5 178 152 16 11 11 1 1.4 2.6 21 0.01



Appendix V - 397 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-04 291.7 294 0.0028 28 0.12 0.7 540 168 25 34 16 1 3.9 8.4 22 0.01
KL44-04 294 296.7 0.0074 74 0.04 5 420 570 36 10 46 1 4.9 6.7 23 0.01
KL44-04 296.7 299 0.003 30 0.05 4.8 282 690 28 9 36 1 4.1 8.2 20 0.01
KL44-04 299 300.9 0.0045 45 0.07 2.4 1180 840 36 13 16 1 5.2 7.6 23 0.1
KL44-04 300.9 303.4 0.0043 43 0.02 0.5 234 141 17 9 7 1 2.7 4.8 23 0.01
KL44-04 303.4 308.2 0.0043 43 0.05 2.4 490 520 2 14 14 1 2.9 7.9 19 0.1
KL44-04 308.2 309.7 0.0049 49 0.07 0.8 243 238 17 10 16 1 6.3 5.2 20 0.01
KL44-04 309.7 312.7 0.0021 21 0.04 0.6 147 168 21 6 12 1 3.3 4.1 22 0.01
KL44-04 312.7 315.3 0.0016 16 0.04 0.6 297 340 32 5 10 1 2 7.8 22 0.01
KL44-04 315.3 316.9 0.003 30 0.03 0.6 309 219 23 9 5 1 3 5.3 23 0.01
KL44-04 316.9 319.1 0.0018 18 0.02 0.8 950 450 11 7 6 1 1.1 5.2 32 0.01
KL44-04 319.1 321.5 0.0021 21 0.06 0.6 235 182 9 7 5 1 3.3 3.6 28 0.01
KL44-04 321.5 324.4 0.0043 43 0.34 1.3 1630 790 67 9 6 1 16.2 6.3 48 0.44
KL44-04 324.4 327.4 0.0324 324 0.04 2.9 1490 490 110 15 10 1 22 4.8 30 0.31
KL44-04 327.4 329.4 0.0019 19 0.01 0.1 230 101 3 13 4 1 1.6 1.6 23 0.01
KL44-04 329.4 332.1 0.003 30 0.02 0.7 187 134 7 7 7 1 3.3 2.6 23 0.01
KL44-04 332.1 335 0.0026 26 0.02 0.8 283 132 7 4 5 1 4.8 2.0 19 0.01
KL44-04 335 337.7 0.0038 38 0.01 0.5 123 89 5 4 8 1 8 3.5 26 0.01
KL44-04 337.7 341 0.0037 37 0.01 0.9 560 237 8 5 4 1 5.4 2.7 15 0.01
KL44-04 341 343.5 0.0038 38 0.01 1.1 402 175 8 21 9 1 6.2 2.1 10 0.01
KL44-04 343.5 346.3 0.0119 119 0.06 2.3 430 267 37 13 19 1 28 3.4 11 0.1
KL44-04 346.3 348.3 0.0018 18 0.01 2.1 319 276 4 11 12 1 3.1 3.3 11 0.01
KL44-04 348.3 350.2 0.0014 14 0.01 0.1 175 98 6 6 1 1 1.2 1.5 10 0.01
KL44-04 350.2 352.7 0.004 40 0.01 0.1 221 253 2 8 1 1 0.5 1.0 10 0.01
KL44-04 352.7 354.7 0.0014 14 0.01 0.1 281 262 1 7 1 1 0.3 1.7 8 0.01
KL44-04 354.7 356.8 0.0022 22 0.01 0.1 213 197 3 4 2 1 1.9 1.6 15 0.01
KL44-04 356.8 358.9 0.0041 41 0.01 0.1 710 340 2 4 1 1 0.5 1.5 14 0.01
KL44-04 358.9 361.2 0.0009 9 0.01 0.1 410 292 2 4 0.01 2 2.3 2.4 13 0.01
KL44-04 361.2 364.5 0.0007 7 0.01 0.1 420 336 1 3 0.01 1 1.2 2.0 15 0.01
KL44-04 364.5 367.3 0.001 10 0.01 0.1 165 89 1 3 0.01 1 0.7 1.4 10 0.01
KL44-04 367.3 370.7 0.0055 55 0.01 0.1 344 120 3 5 4 1 3.3 3.6 15 0.01
KL44-04 370.7 373.2 0.0031 31 0.01 0.1 152 47 0.01 10 1 1 1 1.2 10 0.01
KL44-04 373.2 375.8 0.0017 17 0.01 0.1 145 79 2 7 1 1 2.4 0.9 11 0.01
KL44-04 375.8 377.8 0.0009 9 0.01 0.1 560 249 5 6 1 1 1.6 3.0 11 0.01
KL44-04 377.8 380.1 0.0043 43 0.16 2.2 6200 750 35 6 2 1 12.8 4.1 11 0.97
KL44-04 380.1 383.2 0.0198 198 0.03 0.1 359 67 5 10 1 1 0.9 2.3 14 0.01
KL44-04 383.2 386.4 0.002 20 0.01 0.7 760 271 4 8 4 1 1.2 3.8 17 0.01
KL44-04 386.4 389.2 0.0028 28 0.01 0.1 195 145 3 4 1 1 1.4 2.1 14 0.01
KL44-04 389.2 392.3 0.0018 18 0.01 0.1 121 67 2 4 0.01 1 0.6 1.5 13 0.01
KL44-04 392.3 395.1 0.0014 14 0.01 0.1 170 76 1 4 2 1 1.7 1.8 12 0.01
KL44-04 395.1 398 0.0137 137 0.01 0.9 540 980 44 5 1 1 24 4.7 13 0.01
KL44-04 398 400.6 0.0335 335 0.02 0.1 291 116 37 35 0.01 1 2 1.9 13 0.01
KL44-04 400.6 403.2 0.0192 192 0.03 0.1 610 236 27 7 1 1 3.3 3.5 13 0.01
KL44-04 403.2 406.1 0.02 200 0.05 0.1 1150 400 35 47 0.01 2 15 5.1 15 0.22
KL44-04 406.1 408.3 0.0012 12 0.06 0.1 1300 291 13 4 0.01 2 4.1 4.8 9 0.4
KL44-04 408.3 411.8 0.0008 8 0.01 0.1 413 132 5 3 0.01 1 1.5 1.9 9 0.01
KL44-04 411.8 413 0.0012 12 0.01 0.1 331 113 2 5 0.01 1 1.3 1.5 9 0.01
KL44-04 413 415.7 0.0084 84 0.02 0.1 298 123 29 5 0.01 2 2.4 4.2 13 0.01
KL44-04 415.7 418.8 0.149 1490 0.12 0.8 317 119 29 13 0.01 6 1.5 3.6 82 0.01
KL44-04 418.8 420.6 0.09 900 0.05 94 33600 104000 98 14 12 1 90 240.0 22 0.35
KL44-04 420.6 423.4 0.0336 336 0.02 1.6 1220 790 67 13 14 1 68 5.6 15 0.2
KL44-04 423.4 425.6 0.0051 51 0.02 1.6 470 510 24 31 43 1 7.9 8.9 12 0.15
KL44-04 425.6 428.4 0.0254 254 0.05 4 8300 5400 25 6 5 1 24 12.2 9 1.27
KL44-04 428.4 431.5 0.0086 86 0.03 1.2 391 266 25 18 20 1 26 4.5 15 0.16
KL44-04 431.5 434.2 0.079 790 0.1 0.6 440 165 18 4 1 1 17.9 3.0 8 0.21
KL44-04 434.2 437.3 0.0168 168 0.01 0.6 500 160 8 8 1 1 15.2 9.8 14 0.13
KL44-04 437.3 440.6 0.0087 87 0.02 0.8 650 340 26 12 2 1 7.3 4.8 15 0.01
KL44-04 440.6 442.6 0.065 650 0.07 0.1 255 81 15 6 0.01 1 0.9 3.8 8 0.01
KL44-04 442.6 445.6 0.418 4180 0.6 2 222 58 24 9 1 9 2.1 7.8 24 0.01
KL44-04 445.6 448.6 0.335 3350 0.43 1.5 232 65 26 15 1 12 1.5 8.3 24 0.01
KL44-04 448.6 451 0.0097 97 0.02 0.1 167 32 17 26 0.01 1 2.3 1.0 11 0.01
KL44-04 451 453.6 0.0248 248 0.08 0.6 980 117 62 1320 1 3 24 3.0 59 0.13
KL44-04 453.6 455.6 0.0213 213 0.13 0.1 740 126 23 1180 4 4 2.2 4.1 40 0.01



Appendix V - 398 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-04 455.6 458 0.046 460 0.1 0.1 316 67 30 1160 4 8 2 2.8 100 0.01
KL44-04 458 460.1 0.0297 297 0.1 0.5 1250 160 220 1830 3 9 3.9 3.0 122 0.01
KL44-04 460.1 461.6 0.0304 304 0.19 1.4 7400 247 280 2200 3 15 5.7 7.3 60 0.01
KL44-04 461.6 464.6 0.107 1070 0.23 8.7 3960 1220 200 870 20 17 6.8 16.3 88 0.16
KL44-04 464.6 467.6 0.181 1810 0.27 1.3 3760 301 380 37 0.01 8 5.4 5.5 20 0.01
KL44-04 467.6 470.6 0.468 4680 0.34 2.3 6400 2660 520 26 2 10 10.8 9.0 36 0.01
KL44-04 470.6 473.6 0.0056 56 0.02 0.1 232 97 21 12 1 1 1.3 3.0 14 0.01
KL44-04 473.6 476.6 1.01 10100 0.55 3.5 1240 340 170 24 3 12 4.1 12.8 26 0.01
KL44-04 476.6 479.3 0.462 4620 0.27 2 690 150 81 14 2 7 3.1 5.8 17 0.01
KL44-04 479.3 481.6 0.116 1160 0.08 0.1 201 43 24 5 1 4 0.8 2.3 10 0.01
KL44-04 481.6 484.7 0.28 2800 0.21 0.9 256 28 19 5 3 13 0.8 6.0 25 0.01
KL44-04 484.7 487.8 0.22 2200 0.17 1.3 387 107 9 7 1 4 1 6.0 17 0.01
KL44-04 487.8 490.9 0.139 1390 0.07 0.9 295 187 14 4 2 2 0.8 3.8 21 0.01
KL44-04 490.9 492 0.06 600 0.08 0.1 110 19 9 3 1 2 0.4 2.8 12 0.01
KL44-04 492 494.6 0.054 540 0.04 0.1 198 32 10 3 2 1 0.3 5.3 11 0.01
KL44-04 494.6 497.6 0.408 4080 0.31 2.6 980 26 20 2 4 18 0.3 10.5 19 0.01
KL44-04 497.6 500.6 0.23 2300 0.32 1.3 1150 49 24 3 2 3 1.7 4.5 13 0.01
KL44-04 500.6 503.6 0.99 9900 0.49 2.2 118 107 110 9 3 6 3.6 9.5 86 0.01
KL44-04 503.6 505.4 0.153 1530 0.1 0.6 158 30 9 231 1 6 6.9 2.9 13 0.01
KL44-04 505.4 507.6 0.22 2200 0.13 1.2 170 32 17 980 1 5 1.1 3.3 32 0.01
KL44-04 507.6 509.6 1.02 10200 0.56 1.8 248 43 16 156 1 8 1.4 10.0 17 0.01
KL44-04 509.6 512.6 0.081 810 0.07 0.1 138 52 9 62 1 2 1.6 2.0 8 0.01
KL44-04 512.6 515.6 0.069 690 0.04 0.1 93 34 5 326 2 3 1 1.8 19 0.01
KL44-04 515.6 518.6 0.142 1420 0.18 1.1 730 560 18 27 3 3 7.3 5.1 21 0.16
KL44-04 518.6 521.6 0.185 1850 0.14 1.1 610 67 37 37 2 6 3.5 3.8 14 0.01
KL44-04 521.6 524.6 0.151 1510 0.11 1.9 267 67 31 14 3 1 7.8 2.8 10 0.01
KL44-04 524.6 527.4 0.164 1640 0.1 1.1 220 34 16 6 7 1 2.2 2.5 7 0.01
KL44-04 527.4 530.5 0.124 1240 0.15 7.4 430 2000 26 5 4 7 6.3 3.5 12 0.01
KL44-04 530.5 533.6 1.55 15500 1.62 2.5 281 490 32 18 2 10 2.6 12.0 36 0.01
KL44-04 533.6 536.6 0.33 3300 0.34 2.4 1040 171 20 13 4 6 1.1 7.0 19 0.01
KL44-04 536.6 539.6 0.36 3600 0.25 1.1 244 13 24 5 1 8 0.3 5.5 13 0.01
KL44-04 539.6 542.6 0.23 2300 0.09 1.6 391 170 22 5 2 6 2.6 8.5 12 0.01
KL44-04 542.6 545.6 0.137 1370 0.1 0.8 326 105 64 6 4 2 3.5 10.3 16 0.01
KL44-04 545.6 548.6 0.287 2870 0.2 2.7 460 160 34 3 1 5 3.8 9.8 13 0.01
KL44-04 548.6 551.6 0.88 8800 0.73 21.2 9050 7000 70 4 2 6 17.9 16.5 27 0.1
KL44-04 551.6 553.7 0.71 7100 0.82 2.1 4010 900 950 38 5 11 11.2 9.6 51 0.01
KL44-04 553.7 556.3 0.6 6000 0.45 2.3 1330 570 44 4 1 11 4.6 14.3 15 0.01
KL44-04 556.3 559.4 1.88 18800 1.04 3.7 3580 960 20 13 1 18 3.5 15.5 19 0.01
KL44-04 559.4 562.5 1.7 17000 0.74 2.1 630 267 31 40 0.01 18 2.5 13.5 34 0.01
KL44-04 562.5 565.5 0.073 730 0.64 14.3 1550 9900 37 12 4 1 12.8 8.5 24 0.01
KL44-04 565.5 568.7 2.79 27900 1.5 3.2 720 131 43 8 1 22 1.6 25.0 27 0.01
KL44-04 568.7 570.5 2.08 20800 1.18 4.8 321 75 32 6 3 14 1.6 21.0 51 0.01
KL44-04 570.5 572 1.52 15200 2.02 4.5 401 94 18 5 12 22 1.2 21.5 29 0.01
KL44-04 572 574.6 2.75 27500 2.13 5.2 426 240 52 4 3 36 3.8 27.0 45 0.01
KL44-04 574.6 575.6 0.25 2500 0.21 2.7 125 63 23 14 0.01 9 2.4 7.3 68 0.01
KL44-04 575.6 578.6 0.23 2300 0.14 1.8 570 216 73 21 0.01 6 2.1 7.6 54 0.01
KL44-04 578.6 579.8 0.162 1620 0.09 0.8 291 104 38 296 0.01 6 1.9 10.8 75 0.01
KL44-04 579.8 581.3 0.25 2500 0.14 0.8 158 52 32 8 0.01 7 0.8 8.0 75 0.01
KL44-04 581.3 582.8 0.22 2200 0.21 1.5 490 162 41 6 1 8 2.2 10.6 22 0.01
KL44-04 582.8 584.6 0.362 3620 0.14 1.3 144 83 11 52 0.01 11 0.8 3.4 69 0.01
KL44-04 584.6 587.6 0.495 4950 0.15 1.8 234 154 11 44 1 6 0.6 5.8 64 0.01
KL44-04 587.6 590.6 0.31 3100 0.28 2.1 1060 830 35 16 0.01 2 1 6.0 48 0.01
KL44-04 590.6 593.6 0.27 2700 0.43 1.6 185 115 28 10 0.01 7 1.5 4.0 77 0.01
KL44-04 593.6 596.6 2.35 23500 2.44 4.8 255 40 14 23 1 5 1.2 10.5 75 0.01
KL44-04 596.6 599.6 0.49 4900 0.51 9.8 1820 630 53 18 1 7 6.8 4.3 43 0.13
KL44-04 599.6 602.6 0.086 860 0.15 3.7 2190 1400 40 16 3 2 6.5 4.0 24 0.01
KL44-04 602.6 605.6 0.141 1410 0.25 1.1 283 139 38 8 0.01 6 1.5 2.8 72 0.01
KL44-04 605.6 608.6 0.192 1920 0.2 1.4 94 62 10 8 0.01 6 1.1 2.3 65 0.01
KL44-04 608.6 611.6 0.39 3900 0.51 2.1 268 92 28 9 1 14 0.8 5.1 61 0.01
KL44-04 611.6 614.6 0.546 5460 0.53 1.5 45 13 8 21 0.01 8 0.2 2.5 76 0.01
KL44-04 614.6 617.6 0.25 2500 0.33 0.9 91 28 9 6 0.01 5 0.5 2.5 62 0.01
KL44-04 617.6 620.6 0.78 7800 0.51 3 410 237 7 7 3 7 5.6 6.8 74 0.01
KL44-04 620.6 623.6 0.66 6600 0.76 1.3 60 20 6 3 1 8 0.7 5.3 78 0.01



Appendix V - 399 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-04 623.6 626.6 0.364 3640 0.35 0.8 92 25 13 7 1 7 0.4 3.5 68 0.01
KL44-04 626.6 629.6 2.75 27500 0.79 23.5 2860 3060 82 8 46 3 42 9.0 66 0.21
KL44-04 629.6 632.6 0.96 9600 0.41 2.5 68 21 8 6 0.01 4 2.2 5.3 88 0.01
KL44-04 632.6 635.6 0.29 2900 0.62 3 273 820 73 10 2 8 2.8 4.8 47 0.01
KL44-04 635.6 638.6 2.74 27400 2.28 5.2 440 232 19 4 2 34 4.2 21.0 57 0.01
KL44-04 638.6 641.6 1.13 11300 0.29 6.5 710 225 26 23 4 5 9.6 8.5 140 1.24
KL44-04 641.6 644.6 1.6 16000 0.17 5.9 85 63 23 11 1 4 3.5 4.0 137 0.01
KL44-04 644.6 647.6 0.56 5600 0.07 1.8 106 78 13 7 2 5 3.5 4.1 170 0.01
KL44-04 647.6 649.7 0.165 1650 0.02 0.8 34 20 29 8 2 3 12.2 3.0 171 0.01
KL44-04 649.7 651.6 0.21 2100 0.02 0.9 176 68 12 13 0.01 5 2 3.0 69 0.01
KL44-04 651.6 653.6 0.169 1690 0.04 2.1 94 74 6 37 1 18 5.9 10.5 121 0.01
KL44-04 653.6 656.6 0.104 1040 0.02 1.8 161 550 4 30 1 12 1 9.4 156 0.01
KL44-04 656.6 659.6 0.146 1460 0.02 1 60 24 12 38 1 6 1 1.0 238 0.01
KL44-04 659.6 662.6 0.291 2910 0.01 2.4 18 21 4 66 12 5 1.1 2.8 52 0.01
KL44-04 662.6 665.6 0.152 1520 0.03 1.3 21 17 4 25 3 2 0.01 1.3 38 0.01
KL44-04 665.6 668.6 0.083 830 0.01 1.3 115 86 6 40 6 2 13.4 1.3 30 0.01
KL44-04 668.6 671.6 0.123 1230 0.02 1.9 18 20 3 150 4 3 0.5 1.8 26 0.01
KL44-04 671.6 674.6 0.105 1050 0.01 1.4 37 20 2 53 3 5 1.5 2.5 42 0.01
KL44-04 674.6 677.6 0.098 980 0.01 1.1 17 18 2 23 2 3 0.7 2.3 40 0.01
KL44-04 677.6 680.6 0.138 1380 0.06 1.8 28 32 3 55 12 2 1.1 1.8 28 0.01
KL44-04 680.6 683.6 0.152 1520 0.04 1.4 38 20 3 49 12 3 2 2.0 31 0.01
KL44-04 683.6 686.6 0.115 1150 0.04 0.8 14 13 1 25 4 2 1.2 3.3 135 0.01
KL44-04 686.6 689.2 0.09 900 0.09 0.6 13 17 10 34 1 2 3.2 1.8 35 0.01
KL44-04 689.2 690.6 0.086 860 0.08 0.1 17 24 53 33 1 3 13.3 1.8 18 0.01
KL44-04 690.6 693.7 0.177 1770 0.12 0.6 143 103 8 32 1 5 3.9 3.3 23 0.01
KL44-04 693.7 695.6 0.135 1350 0.06 0.7 19 18 1 17 2 3 1 1.3 24 0.01
KL44-04 695.6 697.8 0.193 1930 0.07 1 64 45 0.01 32 3 3 0.7 1.5 155 0.01
KL44-04 697.8 700.5 0.134 1340 0.09 0.9 24 16 4 56 3 4 2.1 1.0 185 0.1
KL44-04 700.5 702.8 0.057 570 0.06 0.6 16 26 16 74 0.01 3 5.4 1.8 126 0.01
KL44-04 702.8 705.1 0.0278 278 0.04 0.1 13 17 3 19 0.01 2 1.9 0.0 157 0.01
KL44-04 705.1 706.9 0.061 610 0.04 0.1 34 17 2 16 1 3 1.2 3.3 170 0.01
KL44-04 706.9 709.8 0.073 730 0.04 0.1 22 12 2 430 1 5 1.3 2.8 201 0.01
KL44-04 709.8 712.9 0.051 510 0.01 0.7 16 10 2 30 2 14 1 4.0 141 0.01
KL44-04 712.9 716 0.114 1140 0.02 0.7 17 14 2 60 4 4 1.6 3.0 107 0.01
KL44-04 716 718.4 0.0326 326 0.01 0.5 22 32 5 41 2 4 2.1 15.1 142 0.01
KL44-04 718.4 721.2 0.073 730 0.02 0.6 13 8 41 99 2 2 6.7 1.8 204 0.01
KL44-04 721.2 724.3 0.147 1470 0.04 0.1 10 9 540 187 1 5 35 6.0 183 0.01
KL44-04 724.3 725.6 0.049 490 0.01 0.1 9 8 120 61 1 3 15.4 3.5 206 0.01
KL44-04 725.6 728.6 0.0316 316 0.02 0.1 10 7 71 57 1 3 8.3 3.8 201 0.01
KL44-04 728.6 730.8 0.082 820 0.05 0.1 12 11 230 117 1 5 19.1 4.3 174 0.01
KL44-04 730.8 733.8 0.056 560 0.02 0.1 17 11 110 29 0.01 6 11 3.3 123 0.01
KL44-04 733.8 735.5 0.0178 178 0.01 0.1 19 8 26 25 0.01 4 4 3.0 127 0.01
KL44-04 735.5 737 0.0321 321 0.03 0.1 16 7 8 30 0.01 5 2 2.5 81 0.01
KL44-04 737 738.9 0.077 770 0.04 0.1 23 14 14 41 1 1 3.4 2.3 115 0.01
KL44-04 738.9 741.3 0.0314 314 0.02 0.1 15 13 66 24 0.01 1 6.5 1.8 128 0.01
KL44-04 741.3 743.2 0.104 1040 0.04 0.1 21 14 110 66 1 1 14.9 2.5 95 0.01
KL44-04 743.2 745.3 0.118 1180 0.02 1 23 13 5 58 3 1 1.4 2.8 130 0.01
KL44-04 745.3 747.8 0.0326 326 0.02 0.1 152 136 79 121 0.01 3 4.1 4.3 112 0.01
KL44-04 747.8 750.9 0.0279 279 0.01 0.1 58 42 40 55 0.01 1 1.6 3.5 174 0.01
KL44-04 750.9 752.6 0.073 730 0.03 0.1 11 10 6 34 1 2 1.6 2.8 94 0.01
KL44-04 752.6 755.6 0.052 520 0.03 0.1 16 14 11 22 1 3 3.5 4.5 95 0.01
KL44-04 755.6 758.6 0.124 1240 0.05 0.1 10 8 24 19 1 2 4.8 3.5 177 0.01
KL44-04 758.6 761.6 0.083 830 0.03 0.5 23 18 40 38 1 1 6.6 1.8 144 0.01
KL44-04 761.6 764.6 0.0376 376 0.02 0.1 9 8 17 29 1 1 2.6 1.0 109 0.01
KL44-04 764.6 767.6 0.0205 205 0.02 0.1 5 7 39 46 1 1 5.6 1.8 97 0.01
KL44-04 767.6 955.6
KL44-05 0 1.6 0.0084 84 0.06 8.3 3060 470 22 1 0.01 1 3 2.0 18 0.18
KL44-05 1.6 4.6 0.0025 25 0.09 3.5 870 178 22 1 0.01 1 2.2 1.2 19 0.1
KL44-05 4.6 7.6 0.0069 69 0.01 0.1 67 29 6 1 0.01 1 0.3 0.6 19 0.01
KL44-05 7.6 10.6 0.0036 36 0.01 0.1 37 41 5 2 0.01 1 0.01 0.0 23 0.01
KL44-05 10.6 13.6 0.0016 16 0.01 0.8 89 59 6 2 0.01 1 0.2 1.5 17 0.01
KL44-05 13.6 16.6 0.002 20 0.03 1 114 77 9 3 0.01 1 0.3 1.8 16 0.01
KL44-05 16.6 18.6 0.0026 26 0.02 0.1 72 49 7 2 0.01 1 0.2 1.3 15 0.01



Appendix V - 400 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-05 18.6 20.1 0.0003 3 0.03 0.9 104 41 10 1 0.01 1 0.5 1.2 13 0.01
KL44-05 20.1 22.3 0.0008 8 0.01 0.1 66 28 7 1 0.01 1 0.2 0.6 12 0.01
KL44-05 22.3 25.4 0.001 10 0.01 0.8 68 39 17 1 0.01 1 0.4 0.9 14 0.01
KL44-05 25.4 28.6 0.0014 14 0.01 1 73 40 18 1 0.01 2 0.4 1.4 13 0.01
KL44-05 28.6 31.8 0.0007 7 0.01 2.9 290 142 7 1 0.01 1 0.7 2.0 12 0.01
KL44-05 31.8 34.6 0.002 20 0.01 2.4 440 132 7 1 0.01 1 0.9 1.7 13 0.01
KL44-05 34.6 37 0.0007 7 0.01 0.9 145 88 10 2 0.01 1 0.8 1.6 14 0.01
KL44-05 37 38.3 0.0006 6 0.02 1.3 175 83 6 1 0.01 1 0.6 1.5 16 0.01
KL44-05 38.3 40.5 0.0007 7 0.01 1.1 151 115 5 1 0.01 1 0.5 1.7 15 0.01
KL44-05 40.5 43.6 0.0003 3 0.01 0.8 152 112 6 1 0.01 1 0.6 1.3 17 0.01
KL44-05 43.6 46.6 0.0009 9 0.01 0.8 203 170 8 2 0.01 1 0.7 1.6 17 0.01
KL44-05 46.6 49.6 0.001 10 0.07 3.4 650 1180 10 1 0.01 1 2.8 4.5 21 0.01
KL44-05 49.6 51.9 0.0016 16 0.04 1.9 276 317 13 2 0.01 1 1.3 1.9 18 0.01
KL44-05 51.9 55 0.0003 3 0.01 1 153 124 6 1 0.01 1 0.6 1.0 17 0.01
KL44-05 55 58.1 0.0054 54 0.17 6.3 1020 680 61 3 7 2 6.4 4.2 19 0.12
KL44-05 58.1 60.6 0.0101 101 0.24 7.8 1380 830 140 3 4 3 9.6 5.9 22 0.15
KL44-05 60.6 63.5 0.0006 6 0.02 3.3 316 118 10 1 2 1 0.8 3.3 20 0.01
KL44-05 63.5 66.6 0.002 20 0.05 4.5 490 480 17 1 1 1 2.1 3.8 21 0.01
KL44-05 66.6 69.7 0.0049 49 0.08 33 4500 10200 28 2 0.01 1 40 33.5 19 0.01
KL44-05 69.7 72.8 0.002 20 0.03 14.1 1560 1100 28 1 0.01 2 4.5 16.2 20 0.01
KL44-05 72.8 75.9 0.0152 152 0.05 3 264 92 8 3 0.01 1 0.7 1.6 15 0.01
KL44-05 75.9 79 0.001 10 0.01 1.9 168 117 20 2 0.01 1 0.5 3.1 19 0.01
KL44-05 79 82.1 0.0011 11 0.09 4.8 570 386 25 1 0.01 1 2.9 4.6 16 0.12
KL44-05 82.1 85.2 0.0005 5 0.02 1.4 165 76 15 1 0.01 1 1 2.7 17 0.01
KL44-05 85.2 88.3 0.0006 6 0.01 0.7 123 48 8 1 0.01 1 0.5 1.4 15 0.01
KL44-05 88.3 91.4 0.0005 5 0.01 0.5 107 31 5 1 0.01 1 0.01 1.3 19 0.01
KL44-05 91.4 94.6 0.0005 5 0.07 1.5 210 93 12 1 0.01 1 1.1 2.9 17 0.01
KL44-05 94.6 97.6 0.0006 6 0.05 1.9 460 132 7 1 0.01 1 0.8 2.0 14 0.01
KL44-05 97.6 99.5 0.003 30 0.02 1.2 184 95 9 8 0.01 1 0.7 1.1 13 0.01
KL44-05 99.5 101.8 0.0061 61 0.01 0.1 13 12 1 3 0.01 2 0.01 0.0 241 0.01
KL44-05 101.8 103.6 0.0008 8 0.05 1.2 301 76 11 1 0.01 2 0.5 1.6 15 0.01
KL44-05 103.6 106.6 0.0009 9 0.02 1.1 188 87 6 1 0.01 1 1.1 1.6 17 0.01
KL44-05 106.6 109.6 0.0008 8 0.01 0.6 182 63 5 2 0.01 1 0.4 1.0 17 0.01
KL44-05 109.6 111.1 0.0015 15 0.01 0.6 111 58 4 3 0.01 1 0.3 0.7 13 0.01
KL44-05 111.1 113.6 0.0013 13 0.01 0.5 75 31 3 2 0.01 1 0.2 0.5 13 0.01
KL44-05 113.6 116.6 0.0007 7 0.05 1.2 314 116 7 1 0.01 1 1 1.7 17 0.01
KL44-05 116.6 119.6 0.0014 14 0.01 1.2 420 48 4 1 0.01 1 0.2 0.8 17 0.01
KL44-05 119.6 122.8 0.001 10 0.01 0.1 156 41 3 1 0.01 1 0.3 0.7 13 0.01
KL44-05 122.8 124.6 0.001 10 0.01 0.6 174 53 3 1 0.01 1 0.2 0.6 13 0.01
KL44-05 124.6 126.6 0.0106 106 0.01 0.1 136 79 6 1 0.01 2 0.7 1.0 16 0.01
KL44-05 126.6 128.8 0.0012 12 0.03 0.6 184 104 2 1 0.01 1 0.01 0.9 13 0.01
KL44-05 128.8 131.5 0.0007 7 0.02 0.7 152 55 3 1 0.01 1 0.01 0.0 14 0.01
KL44-05 131.5 133.6 0.0011 11 0.06 1.5 330 200 12 1 0.01 1 1.1 0.0 17 0.01
KL44-05 133.6 136.1 0.0007 7 0.03 0.1 118 90 5 1 0.01 1 0.4 0.0 12 0.01
KL44-05 136.1 137.1 0.0031 31 0.09 0.7 339 217 21 1 0.01 1 2.3 2.4 18 0.01
KL44-05 137.1 139.6 0.001 10 0.01 0.6 150 120 4 1 0.01 1 0.6 1.2 18 0.01
KL44-05 139.6 142.6 0.002 20 0.01 0.6 1450 46 5 1 0.01 1 0.3 1.0 14 0.01
KL44-05 142.6 145.6 0.0022 22 0.01 0.1 112 71 3 1 0.01 1 0.4 0.0 18 0.01
KL44-05 145.6 148.6 0.0004 4 0.01 0.6 109 44 2 1 0.01 1 0.01 0.0 18 0.01
KL44-05 148.6 151.6 0.0012 12 0.03 0.8 395 290 4 1 0.01 1 0.9 0.7 24 0.01
KL44-05 151.6 153.6 0.0007 7 0.01 1.4 152 80 2 1 0.01 1 0.3 0.0 13 0.01
KL44-05 153.6 154.9 0.0008 8 0.02 0.8 540 110 3 1 0.01 1 0.4 0.7 14 0.01
KL44-05 154.9 157.6 0.0015 15 0.06 3 1000 345 7 2 0.01 1 1.8 0.8 12 0.01
KL44-05 157.6 160.6 0.0004 4 0.02 0.7 116 62 5 1 0.01 1 0.4 0.7 18 0.01
KL44-05 160.6 163.1 0.0005 5 0.04 0.7 210 57 2 1 0.01 1 0.4 0.0 12 0.01
KL44-05 163.1 166.4 0.0012 12 0.28 1.8 267 76 3 1 0.01 1 1.1 0.0 14 0.01
KL44-05 166.4 168.6 0.0005 5 0.19 1 264 53 10 2 0.01 1 1.1 1.2 15 0.01
KL44-05 168.6 169.8 0.0004 4 0.18 0.8 163 74 9 1 0.01 1 0.5 1.0 10 0.01
KL44-05 169.8 172 0.0004 4 0.09 0.1 162 47 6 1 0.01 1 0.3 0.0 9 0.01
KL44-05 172 173.4 0.0005 5 0.04 0.1 144 44 7 1 0.01 1 0.2 0.6 10 0.01
KL44-05 173.4 175.6 0.0007 7 0.02 0.1 145 58 6 1 0.01 1 0.2 0.0 11 0.01
KL44-05 175.6 178.1 0.0008 8 0.01 0.1 115 50 8 2 0.01 1 0.2 0.0 16 0.01
KL44-05 178.1 181.1 0.002 20 0.01 0.1 100 45 7 2 0.01 1 1.1 0.6 16 0.01



Appendix V - 401 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-05 181.1 184.1 0.0006 6 0.02 0.1 153 46 5 1 0.01 1 0.01 0.5 14 0.01
KL44-05 184.1 186.8 0.0005 5 0.01 0.1 108 29 7 1 0.01 1 0.01 0.0 10 0.01
KL44-05 186.8 188.6 0.0007 7 0.04 0.8 233 107 6 1 0.01 1 0.7 0.0 16 0.01
KL44-05 188.6 190.6 0.0006 6 0.01 0.1 132 52 6 1 0.01 1 0.01 0.0 12 0.01
KL44-05 190.6 193.6 0.0004 4 0.01 0.1 108 44 4 1 0.01 1 0.01 0.0 12 0.01
KL44-05 193.6 196.6 0.003 30 0.04 0.1 120 47 8 1 0.01 1 0.2 0.0 10 0.01
KL44-05 196.6 198.6 0.0012 12 0.06 0.1 140 41 6 1 0.01 1 0.3 0.0 8 0.01
KL44-05 198.6 202.6 0.0244 244 0.07 0.1 226 82 9 5 0.01 1 0.9 0.6 11 0.01
KL44-05 202.6 203.9 0.0007 7 0.94 0.9 364 251 36 2 0.01 1 2 1.8 17 0.01
KL44-05 203.9 205.6 0.0011 11 0.1 0.1 115 62 17 2 0.01 1 0.7 2.5 13 0.01
KL44-05 205.6 208.5 0.0005 5 0.04 0.1 94 90 9 1 0.01 1 0.3 1.2 16 0.01
KL44-05 208.5 211.6 0.0008 8 0.03 0.1 166 106 6 1 0.01 1 0.2 1.1 11 0.01
KL44-05 211.6 212.6 0.0018 18 0.01 0.5 189 135 8 2 0.01 1 0.2 0.0 11 0.01
KL44-05 212.6 215.2 0.0006 6 0.01 0.1 232 81 7 1 0.01 1 0.2 0.5 10 0.01
KL44-05 215.2 217 0.0005 5 0.01 0.1 141 57 8 1 0.01 1 0.01 0.8 10 0.01
KL44-05 217 218.8 0.0011 11 0.02 0.1 183 83 8 1 0.01 1 0.01 0.5 13 0.01
KL44-05 218.8 220.6 0.0006 6 0.01 0.1 69 80 5 1 0.01 1 0.01 0.8 10 0.01
KL44-05 220.6 222.4 0.0026 26 0.01 0.1 81 45 4 1 0.01 1 0.01 0.0 11 0.01
KL44-05 222.4 224.4 0.0007 7 0.01 0.1 150 80 6 1 0.01 1 0.01 0.0 12 0.01
KL44-05 224.4 226.1 0.001 10 0.01 0.1 74 70 5 1 0.01 1 0.2 0.6 10 0.01
KL44-05 226.1 229.2 0.0008 8 0.01 1.2 1040 300 23 1 0.01 1 0.9 1.9 10 0.01
KL44-05 229.2 232.2 0.0012 12 0.02 2.5 420 155 10 2 0.01 1 0.8 2.3 14 0.01
KL44-05 232.2 234.4 0.0005 5 0.01 0.8 180 69 6 1 0.01 1 0.3 0.7 10 0.01
KL44-05 234.4 237.5 0.0005 5 0.01 0.7 258 114 7 1 0.01 1 0.2 0.9 8 0.01
KL44-05 237.5 240.6 0.0004 4 0.01 0.1 157 146 5 2 0.01 1 0.3 0.7 9 0.01
KL44-05 240.6 243.6 0.0009 9 0.02 0.1 207 157 6 1 0.01 1 0.4 0.8 10 0.01
KL44-05 243.6 246.7 0.0006 6 0.02 0.1 153 154 12 1 0.01 1 0.7 1.4 14 0.01
KL44-05 246.7 249.3 0.0004 4 0.01 0.5 147 125 6 1 0.01 1 0.4 1.2 9 0.01
KL44-05 249.3 252.3 0.0006 6 0.01 0.1 152 82 4 1 0.01 1 0.2 0.8 10 0.01
KL44-05 252.3 255.3 0.0005 5 0.01 0.1 205 115 6 1 0.01 1 0.3 0.9 10 0.01
KL44-05 255.3 258.4 0.0004 4 0.01 0.7 690 263 7 1 0.01 1 0.5 0.7 10 0.01
KL44-05 258.4 261.5 0.0013 13 0.02 4.2 1410 580 29 6 7 1 1.1 2.0 22 0.01
KL44-05 261.5 263.2 0.0019 19 0.01 0.8 620 185 10 4 0.01 1 0.5 0.9 10 0.01
KL44-05 263.2 265.6 0.002 20 0.02 0.8 309 279 12 2 0.01 1 0.4 1.4 15 0.01
KL44-05 265.6 268.6 0.0007 7 0.02 0.9 730 285 16 1 0.01 1 0.7 1.4 16 0.01
KL44-05 268.6 271.6 0.0011 11 0.01 0.6 333 144 11 2 0.01 1 0.3 1.2 16 0.01
KL44-05 271.6 274.6 0.001 10 0.01 0.7 410 164 7 2 1 1 0.2 0.6 9 0.01
KL44-05 274.6 277.6 0.0016 16 0.01 1.1 1000 374 12 2 1 1 0.7 1.0 9 0.01
KL44-05 277.6 280.6 0.0008 8 0.01 0.6 460 160 6 2 0.01 1 0.3 0.5 9 0.01
KL44-05 280.6 282.6 0.0007 7 0.01 0.1 354 130 6 1 0.01 1 0.01 0.0 9 0.01
KL44-05 282.6 285.7 0.0007 7 0.01 0.6 329 171 6 3 0.01 1 0.2 0.0 8 0.01
KL44-05 285.7 287.2 0.0006 6 0.01 0.8 630 224 9 1 0.01 1 0.6 1.3 13 0.01
KL44-05 287.2 289.3 0.0064 64 0.07 4.8 6950 1960 54 16 4 1 4 5.0 14 0.01
KL44-05 289.3 290.8 0.0048 48 0.02 3.5 3410 1030 34 25 3 1 2.5 1.4 21 0.01
KL44-05 290.8 292.6 0.0015 15 0.01 2.1 990 510 19 8 3 1 1.2 1.3 11 0.01
KL44-05 292.6 294.3 0.0016 16 0.04 1.2 610 480 12 2 0.01 1 1.8 1.4 10 0.01
KL44-05 294.3 296.1 0.0028 28 0.15 2.5 1160 810 21 4 0.01 1 5.6 2.6 17 0.01
KL44-05 296.1 298.6 0.0064 64 0.02 1.7 414 253 7 8 0.01 1 2.1 1.3 14 0.01
KL44-05 298.6 301.1 0.0021 21 0.02 1.4 610 405 10 3 0.01 1 1.7 2.2 12 0.01
KL44-05 301.1 303 0.0017 17 0.03 1.2 870 510 19 3 0.01 1 1.2 2.2 11 0.01
KL44-05 303 304.8 0.0029 29 0.02 1.6 980 600 20 4 1 1 1.5 3.2 14 0.01
KL44-05 304.8 307.6 0.0014 14 0.01 0.6 354 230 7 2 0.01 1 1 1.1 10 0.01
KL44-05 307.6 310.6 0.0049 49 0.01 1 284 247 10 3 0.01 1 0.7 1.2 17 0.01
KL44-05 310.6 313.6 0.0008 8 0.01 0.7 157 118 6 2 0.01 1 0.6 1.3 11 0.01
KL44-05 313.6 315.6 0.0011 11 0.02 0.8 333 171 7 1 0.01 1 0.8 1.3 9 0.01
KL44-05 342.2 343.6
KL44-05 384.4 385.6
KL44-05 391.6 394.6
KL44-05 394.6 397.6
KL44-05 397.6 399.2
KL44-05 399.2 401.3
KL44-05 401.3 402.9
KL44-05 402.9 405.1



Appendix V - 402 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-05 405.1 406.5
KL44-05 406.5 409.5
KL44-05 409.5 411
KL44-05 411 414.1
KL44-05 414.1 416.7
KL44-05 416.7 418.6
KL44-05 418.6 421.6
KL44-05 421.6 424.6
KL44-05 424.6 427.6
KL44-05 427.6 430.6
KL44-05 430.6 432
KL44-05 432 434.9
KL44-05 434.9 436.6
KL44-05 436.6 439.6
KL44-05 439.6 442.6
KL44-05 442.6 445.6
KL44-05 445.6 448.6
KL44-05 448.6 451
KL44-05 451 454.6
KL44-05 454.6 457
KL44-05 457 460
KL44-05 460 463
KL44-05 463 466.3
KL44-05 466.3 469.4
KL44-05 469.4 472.5
KL44-05 472.5 475.6
KL44-05 475.6 478.6
KL44-05 478.6 481.6
KL44-05 481.6 484.6
KL44-05 484.6 487.6
KL44-05 487.6 489.8
KL44-05 489.8 492.5
KL44-05 492.5 495.5
KL44-05 495.5 497.5
KL44-05 497.5 499.1
KL44-05 499.1 502.2
KL44-05 502.2 505.3
KL44-05 505.3 508.4
KL44-05 508.4 511.5
KL44-05 511.5 514.6
KL44-05 514.6 517.6
KL44-05 517.6 520.6
KL44-05 520.6 523.6
KL44-05 523.6 525.7
KL44-05 525.7 526.1
KL44-05 526.1 529.6
KL44-05 529.6 532
KL44-05 532 534.2
KL44-05 534.2 535.6
KL44-05 535.6 537.2
KL44-05 537.2 539.1
KL44-05 539.1 541.3
KL44-05 541.3 544.4
KL44-05 544.4 547.5
KL44-05 547.5 550.6
KL44-05 550.6 553.6
KL44-05 553.6 556.6 0.438 4380 0.43 1.4 292 116 1270 48 2 8 138 8.3 137 0.12
KL44-05 556.6 559.6 0.78 7800 0.49 2.8 1480 805 1520 208 5 9 70 7.2 139 0.39
KL44-05 559.6 562.2 0.59 5900 0.35 2.8 255 211 800 80 5 5 148 8.1 88 0.2
KL44-05 562.2 563.9 0.63 6300 0.51 3.6 960 835 530 70 2 9 24 8.5 113 0.26
KL44-05 563.9 565.6 0.489 4890 0.58 1.2 810 394 95 52 2 11 2.8 8.0 48 0.1
KL44-05 565.6 568.6 0.307 3070 0.85 2.8 1790 533 58 82 3 8 2.9 7.6 36 0.13
KL44-05 568.6 571.6 0.303 3030 0.91 1.4 1740 506 25 225 2 6 1.3 6.8 38 0.1



Appendix V - 403 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-05 571.6 574.6 0.349 3490 1.89 1.8 1310 481 41 218 3 7 1.1 6.4 40 0.1
KL44-05 574.6 577.6 0.354 3540 1.79 1.2 550 183 50 70 2 16 1.6 9.4 46 0.01
KL44-05 577.6 580.6 0.208 2080 1.85 0.5 155 30 45 143 1 8 2.8 8.8 93 0.01
KL44-05 580.6 583.3 0.0349 349 0.17 0.1 148 14 15 11 0.01 19 0.5 2.5 35 0.01
KL44-05 583.3 586.4 0.129 1290 0.15 0.1 122 23 13 14 0.01 24 0.3 1.8 31 0.01
KL44-05 586.4 588.7 0.0254 254 0.32 0.1 169 22 42 3 0.01 22 0.8 1.0 28 0.01
KL44-05 588.7 591.8 0.0198 198 0.5 0.1 102 15 14 2 0.01 23 0.4 0.8 22 0.01
KL44-05 591.8 594.9 0.0155 155 0.04 0.1 111 12 5 2 0.01 22 0.01 0.0 23 0.01
KL44-05 594.9 598 0.0259 259 0.1 0.1 115 20 10 4 0.01 24 0.01 0.0 21 0.01
KL44-05 598 601.1 0.0156 156 0.06 0.1 105 11 10 1 0.01 22 0.01 0.0 29 0.01
KL44-05 601.1 604.2 0.05 500 0.14 0.1 102 13 2 6 0.01 19 0.2 1.0 35 0.01
KL44-05 604.2 605.6 0.015 150 0.02 0.1 98 12 5 3 0.01 19 0.2 0.0 27 0.01
KL44-05 605.6 607.9 0.21 2100 0.82 1.1 201 20 38 10 0.01 14 1.5 3.0 46 0.01
KL44-05 607.9 610.6 1.16 11600 3.37 6.3 380 16 30 30 14 19 9.1 17.0 62 0.01
KL44-05 610.6 613.6 1.32 13200 1.56 5.5 520 62 43 9 9 18 4.5 14.2 58 0.1
KL44-05 613.6 616.6 1.19 11900 0.99 5.4 570 19 26 4 20 16 2.3 9.0 28 0.01
KL44-05 616.6 619.6 2.06 20600 3.35 5 1140 12 10 6 20 24 5.6 11.6 67 0.12
KL44-05 619.6 622.6 2.29 22900 3.67 5.9 1040 16 11 5 20 25 3.6 14.0 67 0.1
KL44-05 622.6 625.6 1.58 15800 2.92 2.9 116 80 15 2 3 16 4.1 15.0 45 0.01
KL44-05 625.6 628.6 1.18 11800 0.44 1.3 112 47 11 7 2 14 1.2 17.0 52 0.01
KL44-05 628.6 630.4 0.8 8000 0.28 3.2 108 49 94 3 30 11 60 18.7 47 0.1
KL44-05 630.4 632.4 1.72 17200 0.56 8.1 98 63 160 55 6 8 40 16.7 110 0.2
KL44-05 632.4 634.6 0.157 1570 0.11 1.1 75 60 52 113 4 11 6.3 16.0 84 0.01
KL44-05 634.6 636.6 0.047 470 0.13 0.8 26 28 25 11 3 9 4.5 14.5 59 0.01
KL44-05 636.6 637.6 0.163 1630 0.37 1.3 268 87 34 660 4 31 4.3 16.3 182 0.1
KL44-05 637.6 640.2 0.089 890 0.04 0.1 70 31 25 158 2 32 2.8 18.6 115 0.01
KL44-05 640.2 643.3 0.197 1970 0.07 1.2 103 45 51 123 5 24 10.3 19.2 116 0.01
KL44-05 643.3 646.4 0.205 2050 0.04 2.1 365 108 25 42 4 6 2.2 4.8 105 0.11
KL44-05 646.4 648.9 0.33 3300 0.13 5.5 9400 360 230 29 7 4 4.8 6.8 85 1.4
KL44-05 648.9 651 0.244 2440 0.01 1.2 32 21 13 41 0.01 3 1.4 3.5 135 0.01
KL44-05 651 654.8 0.312 3120 0.09 1.4 197 57 20 38 3 5 1.7 9.8 112 0.01
KL44-05 654.8 656 0.264 2640 0.07 0.7 67 18 30 113 4 5 4.1 8.0 110 0.01
KL44-05 656 659.9 0.351 3510 0.06 1.7 140 67 26 82 2 4 5 6.5 163 0.01
KL44-05 659.9 663 0.245 2450 0.03 1.3 510 105 25 120 2 3 1.5 4.3 154 0.1
KL44-05 663 664.3 0.185 1850 0.05 3.8 285 378 190 770 2 5 9.5 6.2 134 0.18
KL44-05 664.3 667.4 0.249 2490 0.04 1.3 217 82 100 49 2 5 13.6 5.0 68 0.01
KL44-05 667.4 670.5 0.304 3040 0.05 0.1 157 83 18 49 0.01 2 0.9 2.8 107 0.01
KL44-05 670.5 673.1 0.229 2290 0.03 1 600 120 55 86 1 4 3.8 3.5 145 0.01
KL44-05 673.1 675.1 0.185 1850 0.01 0.7 115 67 15 148 0.01 3 1.2 2.9 192 0.01
KL44-05 675.1 678.3 0.136 1360 0.01 0.1 130 128 16 67 1 12 2.1 7.0 149 0.01
KL44-05 678.3 680.9 0.145 1450 0.01 0.6 316 194 42 37 1 1 1.6 3.2 98 0.01
KL44-05 680.9 683.6 0.161 1610 0.01 0.7 233 172 27 30 0.01 2 0.6 1.9 122 0.01
KL44-05 683.6 685.6 0.18 1800 0.02 0.9 95 96 65 119 3 8 5.1 8.0 170 0.01
KL44-05 685.6 688.6 0.149 1490 0.01 0.9 147 163 22 62 0.01 2 1.7 1.8 87 0.01
KL44-05 688.6 690.3 0.115 1150 0.01 0.5 32 22 9 53 1 4 0.8 2.3 114 0.01
KL44-05 690.3 692.1 0.31 3100 0.13 1.7 7000 2020 74 33 1 2 3 3.0 102 0.22
KL44-05 692.1 694.6 0.113 1130 0.01 0.7 57 40 39 73 2 7 2 3.2 137 0.01
KL44-05 694.6 697.6 0.183 1830 0.02 1.9 84 36 160 180 2 8 15.7 2.9 154 0.01
KL44-05 697.6 700.6 0.139 1390 0.01 0.6 135 46 110 184 4 9 18.8 3.8 190 0.01
KL44-05 700.6 703.6 0.0235 235 0.02 0.1 35 20 23 135 1 5 2.4 2.0 215 0.01
KL44-05 703.6 706.1 0.0259 259 0.04 0.1 40 52 26 155 2 4 1.8 3.7 112 0.01
KL44-05 706.1 709.2 0.192 1920 0.02 3.8 278 96 340 85 5 8 70 4.2 140 0.12
KL44-05 709.2 712.3 0.102 1020 0.01 1.9 275 126 47 94 4 6 3.5 3.6 149 0.1
KL44-05 712.3 715.4 0.121 1210 0.01 1.1 97 57 67 132 2 3 7.4 2.9 110 0.01
KL44-05 715.4 718.5 0.05 500 0.03 0.5 48 24 13 169 1 7 2.9 7.9 140 0.01
KL44-05 718.5 720.8 0.012 120 0.01 0.1 60 10 6 75 0.01 10 0.9 5.1 128 0.01
KL44-05 720.8 722.6 0.0365 365 0.03 0.1 49 18 17 58 0.01 4 3.1 4.0 148 0.01
KL44-05 722.6 724.2 0.0073 73 0.01 0.1 16 6 7 96 0.01 6 2.8 3.8 157 0.01
KL44-05 724.2 726.2 0.013 130 0.02 0.1 19 13 13 230 2 6 3 12.0 145 0.01
KL44-05 726.2 728.8 0.0244 244 0.04 0.1 440 38 24 267 1 6 1.4 6.5 112 0.12
KL44-05 728.8 730.6 0.0253 253 0.01 0.1 358 117 9 61 0.01 3 1 2.1 179 0.01
KL44-05 730.6 733.6 0.0062 62 0.01 0.1 23 8 3 68 0.01 3 0.5 2.3 116 0.01
KL44-05 733.6 735.6 0.0231 231 0.02 0.1 25 10 15 88 1 5 1.8 4.5 176 0.01



Appendix V - 404 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-05 735.6 736.6 0.0148 148 0.02 0.1 16 11 6 67 1 6 0.9 3.1 240 0.01
KL44-05 736.6 739.6 0.104 1040 0.01 0.1 29 16 7 117 0.01 3 0.7 2.3 191 0.01
KL44-05 739.6 741.6 0.103 1030 0.01 0.5 58 25 32 138 1 2 3.2 2.7 174 0.01
KL44-05 741.6 743.3 0.154 1540 0.01 0.1 40 18 13 66 0.01 2 1.4 2.8 170 0.01
KL44-05 743.3 745 0.447 4470 0.21 1.2 634 87 53 258 1 8 4 3.5 209 0.01
KL44-05 745 747.1 0.134 1340 0.02 0.9 35 19 42 165 1 3 3.7 2.8 133 0.01
KL44-05 747.1 748.6 0.316 3160 0.02 1.1 112 44 230 197 1 5 13.8 2.1 101 0.01
KL44-05 748.6 751.6 0.282 2820 0.04 0.8 54 28 54 211 2 7 6.1 5.5 93 0.01
KL44-05 751.6 754.6 0.305 3050 0.02 0.7 68 44 11 186 1 4 1 2.7 126 0.01
KL44-05 754.6 757.6 0.264 2640 0.03 0.8 106 37 12 112 2 3 0.8 4.4 162 0.01
KL44-05 757.6 760.2 0.059 590 0.02 0.1 45 17 14 1240 0.01 6 0.6 12.5 201 0.01
KL44-05 760.2 763.3 0.27 2700 0.04 0.5 59 28 32 172 0.01 3 0.6 3.1 163 0.01
KL44-05 763.3 766.1 0.097 970 0.02 0.1 26 14 29 337 0.01 4 1 4.6 139 0.01
KL44-05 766.1 767.1 0.331 3310 0.03 0.7 40 22 440 450 3 1 4.1 2.5 143 0.01
KL44-05 767.1 769.6 0.139 1390 0.01 0.6 120 46 25 185 1 4 1.3 2.5 152 0.01
KL44-05 769.6 772.6 0.046 460 0.01 0.1 53 38 6 158 0.01 8 0.7 13.7 145 0.01
KL44-05 772.6 775.6 0.26 2600 0.02 0.7 30 14 9 213 1 4 0.9 3.8 138 0.01
KL44-05 775.6 778.6 0.0117 117 0.01 0.6 19 10 3 233 0.01 6 0.4 5.6 145 0.01
KL44-06 0 2.7 0.0027 27 0.01 0.8 45 28 10 4 0.01 1 0.5 0.0 16 0.01
KL44-06 2.7 5.7 0.0011 11 0.01 0.7 85 38 10 4 0.01 1 0.4 0.6 18 0.01
KL44-06 5.7 8.3 0.0069 69 0.06 1.2 204 89 16 5 0.01 1 1.2 1.3 24 0.01
KL44-06 8.3 11.4 0.0009 9 0.01 1 200 197 11 3 0.01 1 0.8 1.1 21 0.01
KL44-06 11.4 14.1 0.0012 12 0.04 0.1 98 49 10 2 0.01 1 0.5 0.0 18 0.01
KL44-06 14.1 16.9 0.0011 11 0.03 0.7 89 66 18 3 0.01 1 0.6 0.6 54 0.01
KL44-06 16.9 18.7 0.0007 7 0.02 1.5 151 257 17 2 0.01 1 1.2 1.0 31 0.11
KL44-06 18.7 20.7 0.0013 13 0.01 1.5 84 40 12 9 0.01 1 0.5 0.7 20 0.01
KL44-06 20.7 23.7 0.092 920 0.03 4.9 122 63 27 19 0.01 2 1.1 1.4 18 0.01
KL44-06 23.7 26.2 0.0059 59 0.06 4.4 490 214 29 15 0.01 2 2 4.1 24 0.01
KL44-06 26.2 28.4 0.0009 9 0.01 1.2 63 27 11 3 0.01 2 0.5 0.8 12 0.01
KL44-06 28.4 31.2 0.0006 6 0.01 0.9 80 40 28 3 0.01 1 0.4 1.3 18 0.01
KL44-06 31.2 32.7 0.0006 6 0.01 1.2 48 39 16 3 0.01 1 0.5 0.9 23 0.01
KL44-06 32.7 35.7 0.0005 5 0.01 0.8 33 31 17 5 0.01 2 0.7 0.9 21 0.01
KL44-06 35.7 38.7 0.001 10 0.05 2.8 240 236 18 6 0.01 2 1.9 1.6 18 0.2
KL44-06 38.7 41.7 0.0014 14 0.01 4.7 87 530 12 5 0.01 2 2 0.9 19 0.01
KL44-06 41.7 44.7 0.0018 18 0.05 2.1 184 254 13 9 0.01 2 1.9 1.6 18 0.15
KL44-06 44.7 47.7 0.0008 8 0.01 1 130 89 10 2 0.01 1 0.7 1.4 15 0.14
KL44-06 47.7 50.7 0.0012 12 0.1 1.2 333 140 9 31 0.01 3 1.1 2.7 17 0.28
KL44-06 50.7 53.7 0.0005 5 0.03 1.2 100 91 9 7 0.01 1 2.2 2.4 16 0.2
KL44-06 53.7 56.7 0.001 10 0.01 0.1 42 19 9 6 0.01 1 0.8 0.9 17 0.01
KL44-06 56.7 59.7 0.0004 4 0.01 0.1 31 18 6 3 0.01 2 0.5 1.2 15 0.1
KL44-06 59.7 62.7 0.0006 6 0.02 0.8 80 40 9 7 0.01 1 0.6 1.1 18 0.01
KL44-06 62.7 65.7 0.0008 8 0.04 0.6 50 31 30 5 0.01 1 0.5 0.0 12 0.01
KL44-06 65.7 68.7 0.0012 12 0.17 2.3 261 136 39 7 0.01 1 1.9 1.5 18 0.17
KL44-06 68.7 71.7 0.0017 17 0.05 2.7 1340 2000 42 4 0.01 1 2.8 2.9 25 0.1
KL44-06 71.7 74.7 0.0016 16 0.07 0.6 108 99 56 3 0.01 1 0.9 1.4 20 0.27
KL44-06 74.7 77.7 0.0025 25 0.07 0.7 117 163 26 4 0.01 1 1.1 2.7 20 0.12
KL44-06 77.7 80.7 0.0009 9 0.04 0.1 94 80 24 3 0.01 2 0.9 0.6 18 0.01
KL44-06 80.7 83.7 0.0025 25 0.08 0.6 500 193 43 3 0.01 1 12 2.2 21 0.26
KL44-06 83.7 86.7 0.0036 36 0.03 0.1 82 107 48 2 0.01 1 1.9 1.6 24 0.1
KL44-06 86.7 89.7 0.0023 23 0.01 0.5 93 105 43 5 0.01 1 1.1 0.6 21 0.01
KL44-06 89.7 92.7 0.0228 228 0.01 0.6 290 87 29 10 1 1 0.7 1.2 41 0.01
KL44-06 92.7 95.7 0.051 510 0.04 3 700 325 49 9 9 2 2.6 7.1 33 0.27
KL44-06 95.7 98.7 0.0038 38 1.12 2.4 357 159 150 6 2 1 3.3 6.0 33 0.25
KL44-06 98.7 101.7 0.0007 7 0.01 0.6 123 35 24 3 0.01 2 1.5 0.0 37 0.01
KL44-06 101.7 104.7 0.0014 14 0.01 0.7 93 51 25 2 4 1 1.7 0.8 27 0.01
KL44-06 104.7 107.7 0.0129 129 0.02 1.2 760 309 48 4 2 1 1 2.0 20 0.01
KL44-06 107.7 110.7 0.0033 33 0.04 0.1 115 46 26 4 0.01 2 1.9 0.0 33 0.01
KL44-06 110.7 113.1 0.0046 46 0.01 0.1 82 32 19 25 0.01 1 1.8 0.0 38 0.01
KL44-06 113.1 115.1 0.0021 21 0.03 0.6 115 64 42 12 3 1 1.8 1.0 77 0.01
KL44-06 115.1 116.5 0.047 470 0.03 0.6 690 88 44 18 2 4 2.3 1.4 56 0.01
KL44-06 116.5 118.7 0.0095 95 0.84 2.3 720 259 55 14 1 6 7.2 3.3 49 0.88
KL44-06 118.7 119.7 0.13 1300 0.37 69 58500 50500 180 10 0.01 1 116 52.0 21 4
KL44-06 119.7 122.3 2.32 23200 1.32 243 5400 28300 9800 94 460 4 322 80.0 121 23.8



Appendix V - 405 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-06 122.3 123.4 0.158 1580 0.19 6.2 1060 520 520 24 19 4 40 8.3 125 3.08
KL44-06 123.4 125.7 0.081 810 1.17 16.9 3740 2400 430 127 32 4 40 14.0 110 1.77
KL44-06 125.7 128.7 0.0196 196 2.13 3 2300 870 190 24 3 2 12 3.5 45 0.51
KL44-06 128.7 131.2 0.0109 109 0.46 1.4 1880 610 75 24 1 2 4.9 2.3 26 0.28
KL44-06 131.2 133.4 0.0046 46 0.27 1.9 2150 1150 67 29 6 1 5.1 3.3 122 0.24
KL44-06 133.4 134.6 0.0024 24 0.47 2 2300 1230 110 20 2 2 5.6 2.0 102 0.21
KL44-06 134.6 137.2 0.0031 31 0.43 5.9 2640 2180 150 31 39 2 8.6 6.0 189 0.18
KL44-06 137.2 140.4 0.0018 18 0.68 3.7 4100 1140 170 43 7 3 10.7 2.8 118 0.36
KL44-06 140.4 141.7 0.0015 15 0.24 1 2080 600 52 11 0.01 2 3 2.0 189 0.92
KL44-06 141.7 144.7 0.0015 15 0.35 1.9 2570 650 150 26 1 1 11 2.0 95 0.19
KL44-06 144.7 147.2 0.0017 17 0.57 3.8 4910 2540 200 34 1 3 12.7 4.8 123 0.38
KL44-06 147.2 149.3 0.0075 75 0.81 10.3 8410 3500 190 326 2 3 14.2 3.5 104 0.41
KL44-06 149.3 151.2 0.0031 31 1.84 7.2 13800 7000 470 1050 14 2 28 6.2 112 0.57
KL44-06 151.2 152.7 0.004 40 1.63 8.6 21700 7100 470 530 30 4 40 7.5 104 0.75
KL44-06 152.7 155.7 0.0376 376 1.87 6.9 20100 7400 500 2100 46 4 56 23.1 87 1.91
KL44-06 155.7 157.9 0.0211 211 2.52 4.5 12400 5010 520 520 24 5 58 19.0 90 2.42
KL44-06 157.9 159.7 0.0028 28 1.2 1.6 5510 1680 400 366 3 1 32 7.7 98 1
KL44-06 159.7 161.7 0.0107 107 0.84 2.6 5540 2080 250 910 10 2 36 14.5 110 0.76
KL44-06 161.7 164.7 0.065 650 0.3 4.3 4320 1640 280 300 10 5 50 12.0 26 0.17
KL44-06 164.7 166.6 0.0401 401 0.41 3.6 2180 1170 220 211 4 2 46 5.5 26 0.16
KL44-06 166.6 169.4 0.0121 121 0.34 2.8 2730 1930 120 42 8 1 19.9 12.3 30 0.16
KL44-06 169.4 172.1 0.0086 86 0.17 2 2580 1740 54 26 15 1 16.3 8.5 16 0.01
KL44-06 172.1 173.3 0.0156 156 0.03 0.7 950 248 28 21 1 1 4 3.3 16 0.01
KL44-06 173.3 176.5 0.0045 45 0.03 1.2 490 184 31 20 4 1 2.7 1.3 16 0.01
KL44-06 176.5 179.6 0.0056 56 0.06 4 363 510 48 15 72 2 2.4 12.6 17 0.01
KL44-06 179.6 181.8 0.0051 51 0.03 3.5 325 420 35 36 44 4 2.6 4.3 12 0.01
KL44-06 181.8 184.3 0.0076 76 0.07 1.6 540 227 43 39 13 1 7 2.5 19 0.01
KL44-06 184.3 186.9 0.063 630 0.08 3.1 1040 440 240 34 5 3 38 4.5 20 0.01
KL44-06 186.9 190 0.0068 68 0.02 0.8 410 151 30 38 8 4 2.8 2.5 17 0.01
KL44-06 190 191.7 0.0021 21 0.03 1.6 286 259 22 33 17 1 1.5 4.0 19 0.01
KL44-06 191.7 194.3 0.0018 18 0.01 1.2 390 272 18 27 8 2 1.1 3.3 19 0.01
KL44-06 194.3 197.3 0.097 970 0.06 1.8 293 203 41 248 35 3 3.4 3.5 23 0.01
KL44-06 197.3 199.8 0.0132 132 0.07 11.8 1530 1150 47 51 102 1 4.8 21.9 17 0.01
KL44-06 199.8 202.7 0.0053 53 0.02 0.7 480 148 21 57 13 1 2.3 2.6 19 0.01
KL44-06 202.7 205.2 0.0109 109 0.05 5.8 1180 690 32 45 64 1 2.9 12.4 15 0.01
KL44-06 205.2 207.8 0.0272 272 0.22 2.7 1480 840 170 73 30 1 16 7.9 35 0.1
KL44-06 207.8 210.9 0.0057 57 0.02 1.8 450 396 12 54 16 1 2.1 4.0 17 0.01
KL44-06 210.9 213.5 0.0265 265 0.05 2 480 510 73 16 12 1 1.5 4.1 18 0.01
KL44-06 213.5 215.7 0.0068 68 0.02 2.4 400 385 15 14 10 1 1.9 5.3 13 0.01
KL44-06 215.7 218.4 0.0343 343 0.07 1.6 750 520 77 19 8 1 8.2 5.6 16 0.01
KL44-06 218.4 221.6 0.0139 139 0.04 2 700 430 32 18 14 1 6.4 5.7 16 0.01
KL44-06 221.6 224.7 0.0238 238 0.05 2.3 890 1180 61 13 9 1 5.4 6.9 15 0.01
KL44-06 224.7 227.7 0.0117 117 0.03 1.8 680 780 24 15 7 1 3.6 5.5 9 0.01
KL44-06 227.7 228.6 0.0067 67 0.02 1.5 510 380 14 16 9 1 2.1 5.1 10 0.01
KL44-06 228.6 230 0.0258 258 0.05 1.2 820 500 47 14 6 1 4.7 4.4 11 0.01
KL44-06 230 232.4 0.006 60 0.02 0.7 270 198 20 9 4 1 2 1.4 12 0.01
KL44-06 232.4 235.2 0.054 540 0.07 1.4 800 310 200 10 5 1 5 3.1 13 0.01
KL44-06 235.2 238.1 0.0056 56 0.01 1.2 332 188 24 15 6 1 1.7 2.6 12 0.01
KL44-06 238.1 240.5 0.0293 293 0.04 0.9 510 280 73 34 8 1 15 3.7 18 0.01
KL44-06 240.5 243.7 0.0213 213 0.05 1.2 660 314 45 17 6 1 8.9 2.7 12 0.01
KL44-06 243.7 246.3 0.0174 174 0.03 0.7 630 260 39 16 6 1 8.5 2.8 9 0.01
KL44-06 246.3 248.9 0.0075 75 0.01 0.6 398 191 16 19 5 1 4.9 1.9 13 0.01
KL44-06 248.9 251.5 0.0117 117 0.04 1.7 1160 440 18 17 16 1 4.2 6.1 18 0.01
KL44-06 251.5 254.7 0.008 80 0.04 1.2 404 200 37 12 10 1 2 4.7 14 0.01
KL44-06 254.7 257 0.048 480 0.1 0.1 620 309 150 22 6 1 4.7 2.4 20 0.01
KL44-06 257 260 0.24 2400 0.21 1.9 1940 440 540 68 10 4 29 6.8 32 0.13
KL44-06 260 262.6 0.4 4000 0.64 77 38300 64300 1390 193 90 8 120 29.5 54 1.45
KL44-06 262.6 265.1 0.119 1190 0.16 1 1230 710 440 56 7 3 17 5.1 21 0.4
KL44-06 265.1 267 0.253 2530 0.26 2.6 4620 1180 880 93 10 8 22 17.1 45 0.7
KL44-06 267 269.3 0.0076 76 0.04 0.5 680 218 21 20 7 1 1.8 3.4 14 0.01
KL44-06 269.3 272.1 0.0285 285 0.07 0.6 680 192 71 25 7 1 2.5 3.4 15 0.01
KL44-06 272.1 273.8 0.0054 54 0.03 0.5 318 580 17 14 2 1 1.4 1.7 13 0.01
KL44-06 273.8 275.7 0.0069 69 0.03 0.8 580 196 20 31 22 1 1.8 3.2 16 0.01



Appendix V - 406 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-06 275.7 278.7 0.0121 121 0.03 0.6 690 770 26 14 24 1 1.4 3.9 14 0.01
KL44-06 278.7 281.7 0.0159 159 0.08 0.1 440 100 31 12 1 1 1.1 1.1 16 0.01
KL44-06 281.7 284.7 0.0054 54 0.06 0.1 382 148 24 7 2 1 0.7 1.3 12 0.01
KL44-06 284.7 287.7 0.0138 138 0.12 0.1 680 104 42 12 4 1 2.6 2.9 18 0.25
KL44-06 287.7 290.7 0.0366 366 0.08 0.1 710 97 120 14 2 2 1.5 1.8 22 0.1
KL44-06 290.7 293.7 0.061 610 0.09 0.6 650 97 48 10 1 3 1.3 2.7 18 0.01
KL44-06 293.7 296.7 0.202 2020 0.1 0.7 680 56 33 34 6 1 2.2 3.6 30 0.01
KL44-06 296.7 299.7 0.021 210 0.06 0.1 1120 141 36 12 3 2 2.6 3.8 16 0.01
KL44-06 299.7 302.5 0.0204 204 0.15 1.4 420 91 52 10 0.01 1 4.3 2.3 18 0.15
KL44-06 302.5 305.6 0.024 240 0.32 6.6 1890 770 160 9 2 1 11 5.6 24 0.39
KL44-06 305.6 308.6 0.0274 274 0.23 0.9 960 205 130 13 2 1 6.4 4.6 28 0.01
KL44-06 308.6 311.6 0.148 1480 0.22 0.9 830 210 270 30 3 3 6.1 13.0 29 0.01
KL44-06 311.6 314.7 0.471 4710 0.7 2.5 1040 78 70 9 3 10 2.3 9.0 39 0.01
KL44-06 314.7 317.7 0.59 5900 0.7 2 720 38 44 16 2 13 1.2 7.0 31 0.01
KL44-06 317.7 320.7 0.98 9800 1.66 7.3 1210 79 120 137 20 31 2.5 31.0 24 0.01
KL44-06 320.7 323.7 1.14 11400 1.76 5.3 650 41 110 31 3 27 2 20.5 23 0.01
KL44-06 323.7 326.7 0.6 6000 0.45 1.3 118 31 41 234 7 13 1.3 14.0 28 0.01
KL44-06 326.7 329.7 0.296 2960 0.24 0.8 380 148 88 36 2 10 3.8 5.5 19 0.01
KL44-06 329.7 332.7 0.85 8500 0.37 3.9 6000 750 120 17 2 26 7.3 13.5 40 0.01
KL44-06 332.7 335.7 0.441 4410 0.27 0.8 2100 390 270 640 0.01 14 1.9 14.8 78 0.26
KL44-06 335.7 337.9 0.162 1620 0.16 0.7 2630 420 330 1050 0.01 20 1.4 11.3 76 0.36
KL44-06 337.9 341 0.176 1760 0.27 0.7 2700 570 380 2180 0.01 19 3.7 14.1 102 0.9
KL44-06 341 344 0.386 3860 0.28 1.3 202 48 37 214 0.01 9 1.2 5.3 32 0.01
KL44-06 344 347.2 0.26 2600 0.2 1 165 54 62 730 3 8 1.8 4.8 33 0.01
KL44-06 347.2 348.6 0.113 1130 0.11 0.1 530 84 120 890 0.01 6 3.5 5.0 65 0.01
KL44-06 348.6 350.7 0.0162 162 0.06 0.8 600 176 36 15 4 2 2.8 2.8 10 0.01
KL44-06 350.7 353.7 0.159 1590 0.21 0.6 330 93 96 700 0.01 7 1.5 4.5 99 0.01
KL44-06 353.7 356.3 0.39 3900 0.54 1.3 154 16 60 60 0.01 18 6.8 8.8 21 0.01
KL44-06 356.3 359.1 0.457 4570 0.61 1.6 191 30 71 287 2 18 6 15.2 29 0.01
KL44-06 359.1 362.2 0.31 3100 0.22 1 64 18 12 35 0.01 19 0.3 4.5 20 0.01
KL44-06 362.2 365.3 0.411 4110 0.48 1.5 1120 257 44 294 1 14 2.1 11.5 27 0.01
KL44-06 365.3 367.9 0.63 6300 0.48 1.3 96 19 42 102 0.01 19 0.8 12.3 26 0.01
KL44-06 367.9 371 0.66 6600 0.43 1.9 200 26 31 25 0.01 26 0.9 7.3 30 0.01
KL44-06 371 374.1 0.22 2200 0.09 0.1 55 14 11 35 0.01 6 0.3 4.8 18 0.01
KL44-06 374.1 377.2 0.27 2700 0.19 1.2 71 18 16 2120 2 9 0.5 6.0 18 0.01
KL44-06 377.2 380.3 0.346 3460 0.25 1.3 100 14 11 251 0.01 11 0.5 4.1 14 0.01
KL44-06 380.3 383.4 0.331 3310 0.25 1.4 99 16 13 253 0.01 12 0.3 3.8 11 0.01
KL44-06 383.4 386.5 0.517 5170 0.35 1 97 42 9 19 1 10 0.3 4.5 16 0.01
KL44-06 386.5 389.6 0.54 5400 0.38 0.9 98 46 9 26 1 12 0.4 5.0 14 0.01
KL44-06 389.6 392.7 0.13 1300 0.1 0.7 183 37 13 7 0.01 5 0.5 2.8 19 0.01
KL44-06 392.7 395.7 1.03 10300 0.67 8 2600 60 19 39 1 24 0.9 9.5 16 0.01
KL44-06 395.7 398.7 0.41 4100 0.32 3.4 10900 66 21 54 4 38 0.7 8.5 20 0.01
KL44-06 398.7 401.7 1 10000 0.64 8.5 2500 58 20 43 1 26 1.1 9.8 19 0.01
KL44-06 401.7 404.7 0.84 8400 0.57 2.7 2400 620 450 12 2 10 6.8 9.0 54 0.01
KL44-06 404.7 407.7 0.79 7900 0.55 2 770 194 69 11 4 12 3.3 5.8 32 0.01
KL44-06 407.7 410.7 0.157 1570 0.16 0.1 159 105 51 118 0.01 6 1.8 3.0 30 0.01
KL44-06 410.7 413.1 0.8 8000 0.52 1.9 184 45 18 53 3 14 6.4 9.8 26 0.01
KL44-06 413.1 416.2 1.1 11000 0.74 3.2 460 239 44 640 5 37 7.3 10.0 38 0.01
KL44-06 416.2 419.3 0.82 8200 0.34 1.2 405 158 26 120 0.01 46 1.8 4.6 23 0.01
KL44-06 419.3 422.3 0.73 7300 0.39 3 720 480 36 153 0.01 25 3.4 2.5 13 0.01
KL44-06 422.3 425.4 0.088 880 0.05 3 1560 2760 35 1800 3 5 3.2 3.5 56 0.01
KL44-06 425.4 428 0.202 2020 0.08 2.4 2010 940 26 40 3 18 4.7 3.3 19 0.01
KL44-06 428 429.8 2.04 20400 0.68 8.1 1490 56 8 32 3 52 4.5 6.0 17 0.01
KL44-06 429.8 431.6 1.44 14400 0.43 5.1 4220 65 6 53 1 87 3.2 3.5 18 0.01
KL44-06 431.6 433.4 0.9 9000 0.23 3.2 1510 48 13 8 0.01 54 1.4 3.0 26 0.01
KL44-06 433.4 434.7 1.52 15200 0.47 8.9 2110 1300 15 7 52 57 4 8.0 16 0.01
KL44-06 434.7 437.7 1.38 13800 0.41 17.6 530 158 50 11 32 51 4.4 4.0 20 0.01
KL44-06 437.7 440.7 0.49 4900 0.76 11.2 43100 22600 78 9 11 42 6.7 7.0 28 0.01
KL44-06 440.7 443.7 0.366 3660 0.05 5.7 630 183 27 4 4 60 2.6 1.0 17 0.01
KL44-06 443.7 446.7 0.26 2600 0.14 6.3 830 209 16 5 7 56 2.2 0.8 15 0.01
KL44-06 446.7 449.7 0.499 4990 0.26 4.7 1620 273 40 3 5 58 3.1 6.3 15 0.01
KL44-06 449.7 452.7 1.27 12700 0.94 7.3 610 130 24 6 5 46 2.3 10.0 18 0.01
KL44-06 452.7 455.7 0.94 9400 1.08 7.4 1370 930 23 2 5 38 2.1 7.0 19 0.01



Appendix V - 407 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-06 455.7 458.7 0.108 1080 0.73 6 620 168 42 3 10 33 2.8 7.9 22 0.01
KL44-06 458.7 461.7 1.76 17600 1.46 15.1 840 169 19 7 60 36 6.1 14.2 23 0.01
KL44-06 461.7 464.7 2.24 22400 1 21 48700 7900 87 4 2 34 5.9 9.0 26 0.01
KL44-06 464.7 467.7 1.79 17900 0.73 5 1010 198 39 15 0.01 19 2.8 8.0 23 0.01
KL44-06 467.7 470.7 1.43 14300 0.47 3.3 500 122 11 37 1 25 1.6 9.5 19 0.01
KL44-06 470.7 473.7 1.76 17600 0.94 4.7 2020 365 8 1 0.01 34 2.1 10.8 19 0.01
KL44-06 473.7 476.7 1.09 10900 0.37 3.4 1070 298 9 11 0.01 33 4 5.5 18 0.01
KL44-06 476.7 479.7 2.47 24700 0.74 5.2 620 338 2 8 1 39 2.3 6.5 19 0.01
KL44-06 479.7 482.7 2.08 20800 0.66 4.2 570 156 1 6 0.01 41 1.7 14.0 19 0.01
KL44-06 482.7 485.7 1.64 16400 0.56 3.2 470 144 7 2 0.01 27 1.9 11.0 22 0.01
KL44-06 485.7 488.7 1.39 13900 0.48 3.7 430 26 0.01 4 2 32 0.5 10.8 16 0.01
KL44-06 488.7 491.7 3.6 36000 1.38 11.2 1440 27 0.01 9 0.01 34 0.7 15.5 16 0.01
KL44-06 491.7 494.7 0.87 8700 0.46 3.7 680 74 3 1 2 28 2 2.8 24 0.01
KL44-06 494.7 497.7 1.19 11900 0.64 7.1 770 80 5 3 5 27 0.8 6.0 28 0.01
KL44-06 497.7 500.7 3.6 36000 1.97 10 890 134 3 17 0.01 21 1.7 18.0 32 0.01
KL44-06 500.7 503.7 1.65 16500 0.98 19.9 500 106 16 94 59 40 1.4 11.5 52 0.01
KL44-06 503.7 506.7 0.63 6300 0.96 10.6 346 174 340 22 160 27 1.9 13.3 51 0.01
KL44-06 506.7 509.7 2.43 24300 4 55 930 348 24 3 160 10 5.6 18.0 30 0.01
KL44-06 509.7 511.2 4.13 41300 6.1 92 315 46 4 6 74 22 2.2 25.5 42 0.01
KL44-06 511.2 512.7 3.01 30100 2.02 48 254 52 33 4 71 108 0.9 20.5 64 0.01
KL44-06 512.7 514.6 2.76 27600 1.44 21.8 79 26 12 6 187 64 0.5 27.5 63 0.01
KL44-06 514.6 516.8 2.5 25000 0.58 14.3 207 100 270 24 72 16 2 17.5 91 1.4
KL44-06 516.8 519.1 2.17 21700 0.84 13.2 101 126 48 302 170 23 0.3 17.0 58 0.01
KL44-06 519.1 521.7 1.8 18000 0.26 6.1 265 640 76 680 1 14 0.4 11.5 77 0.01
KL44-06 521.7 524.1 0.59 5900 0.21 2.1 103 40 20 112 3 12 0.3 8.7 53 0.01
KL44-06 524.1 526.1 1.12 11200 0.32 2.1 63 38 32 59 2 13 0.4 11.8 62 0.01
KL44-06 526.1 527.7 0.89 8900 0.71 4.3 256 140 19 214 9 13 0.5 3.7 61 0.01
KL44-06 527.7 530.7 1.05 10500 0.57 2.6 48 27 21 109 1 12 1.1 11.8 64 0.01
KL44-06 530.7 533.7 1.06 10600 0.55 2.4 43 32 19 106 2 12 1.2 7.5 63 0.01
KL44-06 533.7 536.7 0.48 4800 0.12 1.6 108 46 9 46 1 13 0.7 6.0 156 0.01
KL44-06 536.7 539.7 0.77 7700 0.51 2.5 48 13 1 48 1 13 0.01 7.0 84 0.01
KL44-06 539.7 542.7 0.67 6700 0.35 1.7 60 6 0.01 63 0.01 9 0.01 4.5 75 0.01
KL44-06 542.7 545.7 0.76 7600 0.28 1.8 34 10 2 27 1 8 0.2 6.3 68 0.01
KL44-06 545.7 548.7 0.97 9700 0.46 3.9 202 195 47 31 1 12 30 11.2 72 0.01
KL44-06 548.7 551.7 0.43 4300 0.24 22.6 284 5600 120 22 1 7 380 5.5 69 0.72
KL44-06 551.7 554.7 0.95 9500 0.28 2 49 22 3 16 1 10 0.4 6.8 87 0.01
KL44-06 554.7 557.7 1.36 13600 0.35 3.7 86 25 2 9 1 12 0.01 8.0 88 0.01
KL44-06 557.7 560.7 0.286 2860 0.15 2 37 23 3 76 0.01 5 1.4 2.8 67 0.01
KL44-06 560.7 563.7 0.258 2580 0.11 1.6 26 8 2 36 1 6 0.01 3.0 61 0.01
KL44-06 563.7 566.7 0.28 2800 0.15 1.5 25 9 2 62 0.01 6 0.01 5.4 64 0.01
KL44-06 566.7 569.7 0.448 4480 0.15 2 80 17 2 37 0.01 12 0.01 4.0 86 0.01
KL44-06 569.7 572.7 0.62 6200 0.33 14 89 89 160 22 6 13 260 6.0 74 0.28
KL44-06 572.7 575.7 0.379 3790 0.15 1.1 59 13 4 23 0.01 9 1.6 3.3 76 0.01
KL44-06 575.7 578.7 0.38 3800 0.13 1 53 10 2 10 0.01 11 0.2 4.5 81 0.01
KL44-06 578.7 581.7 0.67 6700 0.19 1.2 58 11 3 6 0.01 14 0.01 3.5 80 0.01
KL44-06 581.7 584.7 0.412 4120 0.13 1 63 9 2 11 0.01 9 0.01 3.5 72 0.01
KL44-06 584.7 587.7 0.92 9200 0.28 2.2 43 31 2 21 1 14 2.2 6.8 75 0.01
KL44-06 587.7 590.7 0.66 6600 0.21 1.4 48 9 2 41 0.01 14 0.3 5.5 76 0.01
KL44-06 590.7 593.7 0.59 5900 0.23 2.1 57 13 6 48 2 9 0.3 5.0 83 0.01
KL44-06 593.7 596.7 0.417 4170 0.15 1.6 73 70 6 64 1 9 0.9 3.5 66 0.01
KL44-06 596.7 599.3 0.34 3400 0.15 1.7 43 18 3 67 1 8 1.6 3.0 54 0.01
KL44-06 599.3 602.3 0.52 5200 0.24 1.3 56 29 4 134 0.01 12 0.3 6.3 85 0.01
KL44-06 602.3 604.5 0.274 2740 0.12 1.6 86 64 8 20 1 6 0.7 1.8 51 0.01
KL44-06 604.5 605.7 0.21 2100 0.12 2.9 85 85 11 16 0.01 5 3.4 3.0 42 0.01
KL44-06 605.7 608.7 0.25 2500 0.14 1.2 201 42 3 31 0.01 6 0.01 2.3 53 0.01
KL44-06 608.7 611.7 0.515 5150 0.23 1.2 61 8 1 18 0.01 6 0.01 4.5 47 0.01
KL44-06 611.7 614.7 1.6 16000 0.53 2.1 346 83 3 1080 0.01 15 0.2 10.0 51 0.01
KL44-06 614.7 617.7 0.412 4120 0.07 1.5 159 52 17 216 1 18 1.3 21.9 135 0.01
KL44-06 617.7 620.7 0.282 2820 0.04 1.1 59 34 23 18 1 6 8.9 4.8 131 0.01
KL44-06 620.7 623.7 0.242 2420 0.02 0.7 28 18 8 155 0.01 7 0.6 5.0 122 0.01
KL44-06 623.7 626.7 0.459 4590 0.06 1.3 47 23 5 65 0.01 4 0.5 6.0 163 0.01
KL44-06 626.7 629.7 0.382 3820 0.03 0.9 72 25 4 34 1 7 0.7 8.5 132 0.01
KL44-06 629.7 632.7 0.226 2260 0.01 0.1 103 45 3 60 0.01 6 0.5 2.8 169 0.01



Appendix V - 408 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-06 632.7 635.7 1.37 13700 0.4 11.4 500 295 110 56 0.01 16 40 12.3 120 0.33
KL44-06 635.7 638.7 0.57 5700 0.21 2.3 203 171 90 188 0.01 9 14 6.0 95 0.14
KL44-06 638.7 641.7 1.09 10900 0.24 1.6 155 48 8 136 0.01 8 1.2 6.5 102 0.01
KL44-06 641.7 644.7 0.278 2780 0.02 0.1 65 29 6 20 0.01 6 0.3 2.5 139 0.01
KL44-06 644.7 647.7 0.334 3340 0.05 2.8 1570 162 58 67 1 5 11 4.0 74 0.23
KL44-06 647.7 650.7 0.58 5800 0.22 2.4 180 172 100 168 0.01 9 16 7.0 95 0.11
KL44-06 650.7 653.7 0.35 3500 0.12 1.4 44 21 5 52 2 6 0.5 4.3 131 0.01
KL44-06 653.7 656.7 0.445 4450 0.13 1.3 62 25 10 145 2 6 1.2 4.0 101 0.01
KL44-06 656.7 659.7 0.33 3300 0.07 1.5 59 23 8 34 1 5 0.01 2.9 165 0.01
KL44-06 659.7 662.7 0.429 4290 0.19 3.4 191 135 58 54 1 6 5.6 2.8 156 0.01
KL44-06 662.7 665.7 0.471 4710 0.21 1.7 197 71 74 26 1 8 5.1 5.8 110 0.01
KL44-06 665.7 668.7 0.435 4350 0.19 1.4 175 75 61 42 1 7 5 2.8 119 0.14
KL44-06 668.7 671.7 0.488 4880 0.16 2.2 264 87 62 33 0.01 10 18 9.0 157 0.2
KL44-06 671.7 673.8 0.228 2280 0.03 0.7 42 17 2 40 0.01 4 0.01 3.3 121 0.01
KL44-06 673.8 676.9 0.226 2260 0.05 1.3 196 76 64 192 1 12 2.6 5.5 148 0.1
KL44-06 676.9 680 0.22 2200 0.03 1.1 185 79 16 73 0.01 11 1 2.5 120 0.01
KL44-06 680 683.1 0.24 2400 0.02 1.7 225 117 38 26 0.01 8 6.6 2.6 65 0.12
KL44-06 683.1 686.2 0.22 2200 0.21 3.8 168 86 170 136 2 27 18 14.0 64 0.19
KL44-06 686.2 689.3 0.176 1760 0.03 1.5 143 58 21 43 1 10 7.9 4.5 121 0.1
KL44-06 689.3 692.4 0.224 2240 0.05 1.2 188 84 53 37 1 7 8.5 6.5 124 0.12
KL44-06 692.4 695.5 0.21 2100 0.05 1.3 200 96 47 36 1 8 7.1 5.5 121 0.14
KL44-06 695.5 698.5 0.297 2970 0.09 1.2 129 35 31 20 0.01 10 7.5 6.5 112 0.15
KL44-06 698.5 701.6 0.27 2700 0.09 1.1 149 59 19 23 1 16 4.9 7.4 248 0.1
KL44-06 701.6 704.7 0.135 1350 0.03 1 79 36 15 19 0.01 8 3.5 3.8 185 0.01
KL44-06 704.7 707.7 0.22 2200 0.05 1.5 82 43 14 5 0.01 5 8.9 4.1 123 0.01
KL44-06 707.7 710.7 0.125 1250 0.34 1.3 184 510 61 78 4 40 18 7.8 99 0.12
KL44-06 710.7 713.7 0.205 2050 0.02 1.3 172 142 26 16 0.01 16 6.2 3.5 106 0.14
KL44-06 713.7 716.7 0.228 2280 0.01 1 113 64 27 4 0.01 5 10 2.5 148 0.1
KL44-06 716.7 719.7 0.106 1060 0.01 1 157 109 26 27 0.01 4 7.2 1.3 108 0.01
KL44-06 719.7 722.7 0.109 1090 0.01 0.1 163 117 27 27 0.01 6 6.8 2.0 98 0.01
KL44-06 722.7 725.7 0.078 780 0.01 0.1 86 60 9 45 0.01 4 4.5 2.0 121 0.01
KL44-06 725.7 728.7 0.063 630 0.01 0.6 74 42 6 31 0.01 6 1.6 2.0 104 0.01
KL44-06 728.7 730.9 0.062 620 0.01 0.6 80 38 4 30 0.01 7 1.5 3.0 106 0.01
KL44-06 730.9 733.9 0.124 1240 0.01 0.7 144 57 32 67 1 22 2.2 3.5 110 0.01
KL44-06 733.9 737 0.203 2030 0.11 0.7 291 169 25 48 1 13 9.2 4.3 91 0.12
KL44-06 737 740.1 0.236 2360 0.05 1.2 168 41 18 156 1 18 13.3 3.8 135 0.01
KL44-06 740.1 743.2 0.23 2300 0.08 0.1 122 33 2 39 0.01 12 0.7 3.9 104 0.01
KL44-06 743.2 746.2 0.145 1450 0.01 0.5 42 28 2 36 0.01 8 0.3 2.8 135 0.01
KL44-06 746.2 749.3 0.191 1910 0.05 1.3 82 165 22 179 1 9 0.3 2.0 147 0.01
KL44-06 749.3 751.9 0.23 2300 0.1 1.3 325 161 16 43 1 10 0.6 4.3 101 0.01
KL44-06 751.9 754.8 0.154 1540 0.03 0.1 57 16 3 61 3 10 0.01 3.8 113 0.01
KL44-06 754.8 757.9 0.32 3200 0.06 1.1 98 47 40 70 4 14 3.2 8.5 98 0.01
KL44-06 757.9 761 0.284 2840 0.12 0.8 230 158 14 94 1 15 1.4 15.0 95 0.11
KL44-06 761 764.1 0.145 1450 0.03 0.1 274 121 34 96 1 13 1.4 9.3 148 0.15
KL44-06 764.1 767.2 0.156 1560 0.02 1 177 118 25 83 1 12 2.4 7.0 254 0.01
KL44-06 767.2 770.3 0.098 980 0.01 0.6 212 97 44 73 1 6 2.8 5.3 215 0.1
KL44-06 770.3 773.4 0.165 1650 0.02 1.2 1050 630 170 27 0.01 10 11.9 6.9 147 0.27
KL44-06 773.4 776.5 0.147 1470 0.01 0.1 368 159 76 62 1 9 1.8 4.8 186 0.01
KL44-06 776.5 779.6 0.166 1660 0.02 0.8 224 182 34 206 1 14 2 5.7 180 0.12
KL44-06 779.6 782.7 0.256 2560 0.14 0.6 68 48 11 43 0.01 8 0.3 4.5 122 0.01
KL44-06 782.7 785.7 0.165 1650 0.11 0.1 50 26 1 41 0.01 12 0.01 4.3 112 0.01
KL44-06 785.7 788.7 0.118 1180 0.38 0.5 530 38 43 27 1 8 3.1 2.8 110 0.1
KL44-06 788.7 791.7 0.102 1020 0.09 0.1 182 64 3 128 1 10 0.7 4.5 103 0.01
KL44-06 791.7 794.7 0.103 1030 0.12 0.1 33 13 12 142 0.01 6 2.5 5.0 93 0.01
KL44-06 794.7 797.7 0.22 2200 0.02 0.6 377 126 34 261 1 18 1.9 9.3 122 0.1
KL44-06 797.7 800.7 0.22 2200 0.05 0.1 93 45 2 256 0.01 11 0.2 7.0 125 0.01
KL44-06 800.7 803.7 0.197 1970 0.1 0.6 130 58 18 1200 0.01 13 0.2 13.9 99 0.01
KL44-06 803.7 806.7 0.117 1170 0.04 0.1 209 87 140 299 1 9 0.8 4.5 108 0.1
KL44-06 806.7 809.7 0.135 1350 0.03 1.1 342 171 120 120 2 10 12.3 6.3 96 0.01
KL44-06 809.7 812.7 0.199 1990 0.08 2.5 260 320 52 789 2 14 36 10.0 103 0.01
KL44-06 812.7 815.7 0.09 900 0.03 0.1 176 137 15 62 0.01 12 8.6 4.5 127 0.01
KL44-06 815.7 818.7 0.1 1000 0.02 1.4 480 430 32 59 2 11 2.7 7.5 106 0.01
KL44-06 818.7 821.7 0.07 700 0.02 1.6 356 207 40 55 1 12 1.8 9.0 170 0.01



Appendix V - 409 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-06 821.7 824.7 0.26 2600 0.52 85 470 1200 80 38 14 9 240 14.7 148 0.21
KL44-06 824.7 827.7 0.56 5600 0.66 118 460 9300 90 51 58 12 51 15.5 156 0.34
KL44-06 827.7 830.7 0.135 1350 0.03 1.9 372 277 30 232 2 20 2.3 12.8 91 0.01
KL44-06 830.7 833.7 0.073 730 0.03 0.7 234 163 11 68 2 12 1.6 8.4 110 0.01
KL44-06 833.7 836.7 0.152 1520 0.04 1.5 440 389 15 120 3 13 1.7 6.5 113 0.01
KL44-06 836.7 839.7 0.156 1560 0.05 1 370 239 18 84 2 10 2 6.3 156 0.01
KL44-06 839.7 842.5 0.113 1130 0.04 1.1 244 156 41 980 1 9 20.9 3.8 96 0.01
KL44-07 0 2.4 0.0025 25 0.01 0.1 48 34 7 4 0.01 1 0.5 1.0 30 0.01
KL44-07 2.4 5.4 0.163 1630 0.15 0.8 162 76 32 23 2 1 1.5 2.0 35 0.16
KL44-07 5.4 7.4 0.0031 31 0.03 0.1 44 18 11 4 0.01 1 1.1 0.7 33 0.11
KL44-07 7.4 10.6 0.0029 29 0.05 1.5 93 66 21 2 0.01 1 2.5 2.4 25 0.01
KL44-07 10.6 14.4 0.087 870 0.08 1 181 66 32 8 0.01 1 1.9 2.3 23 0.01
KL44-07 14.4 17 0.002 20 0.01 0.1 43 23 16 4 0.01 1 0.6 1.7 18 0.01
KL44-07 17 20.1 0.0019 19 0.01 0.1 60 18 16 3 0.01 1 0.6 1.5 22 0.01
KL44-07 20.1 23.2 0.0041 41 0.02 1.2 760 361 37 7 0.01 1 2.1 2.1 30 0.01
KL44-07 23.2 26.3 0.0029 29 0.01 0.1 97 32 8 7 0.01 1 0.4 1.0 24 0.01
KL44-07 26.3 29.4 0.006 60 0.01 0.1 54 17 4 3 0.01 1 0.2 0.8 19 0.01
KL44-07 29.4 32.4 0.0135 135 0.32 8.1 6200 3700 110 12 0.01 1 27.3 65.0 27 0.33
KL44-07 32.4 35.4 0.0021 21 0.01 0.1 152 54 8 2 0.01 1 1.1 1.7 21 0.01
KL44-07 35.4 38.4 0.0024 24 0.01 0.1 301 234 9 3 0.01 1 0.9 1.3 21 0.01
KL44-07 38.4 41.4 0.002 20 0.23 1.4 368 81 13 3 0.01 1 3 2.1 20 0.27
KL44-07 41.4 44.4 0.0013 13 0.01 0.1 40 24 6 3 0.01 1 0.5 1.4 15 0.01
KL44-07 44.4 46.9 0.0024 24 0.01 0.1 26 14 10 2 0.01 1 0.9 2.4 19 0.01
KL44-07 46.9 50.4 0.0025 25 0.02 0.1 33 13 5 2 0.01 1 0.7 1.4 21 0.01
KL44-07 50.4 53.2 0.002 20 0.04 0.1 37 14 3 2 0.01 1 0.4 1.7 18 0.01
KL44-07 53.2 56.3 0.0031 31 0.03 0.8 28 16 7 7 0.01 1 1 1.8 20 0.12
KL44-07 56.3 59.4 0.182 1820 0.18 1.6 140 84 34 49 1 6 2.5 5.0 45 0.21
KL44-07 59.4 62.4 0.0113 113 0.08 0.6 43 28 19 5 0.01 1 1.3 2.1 23 0.01
KL44-07 62.4 65.4 0.0029 29 0.03 0.1 39 43 13 3 0.01 1 0.5 1.9 25 0.01
KL44-07 65.4 68.1 0.0102 102 0.04 1.2 100 180 34 3 5 1 1.1 7.0 38 0.01
KL44-07 68.1 71.1 0.0106 106 0.02 0.1 105 99 22 3 0.01 1 0.6 2.5 22 0.01
KL44-07 71.1 74.2 0.0032 32 0.01 0.1 56 81 20 2 0.01 1 0.6 1.8 24 0.01
KL44-07 74.2 77.4 0.0046 46 0.02 2.1 1710 250 24 33 64 3 1.1 15.3 36 0.01
KL44-07 77.4 80.4 0.0106 106 0.09 0.1 165 40 100 76 14 2 3.2 3.2 70 0.01
KL44-07 80.4 82.4 0.0133 133 0.06 0.1 205 47 53 114 4 1 1.5 3.1 73 0.01
KL44-07 82.4 85.1 0.22 2200 0.21 38 10100 1830 490 560 280 9 13.8 36.0 57 2.38
KL44-07 85.1 87.7 0.209 2090 0.23 14.2 15400 620 420 9 240 13 13.6 61.5 37 2.64
KL44-07 87.7 89.4 0.0226 226 0.22 3.2 5600 1560 120 420 8 1 12 20.5 24 0.44
KL44-07 89.4 92.4 0.0165 165 0.2 0.9 380 254 82 116 3 1 6.6 4.5 41 0.25
KL44-07 92.4 95.2 0.0173 173 0.23 0.7 870 211 59 20 11 1 5.5 2.6 35 0.33
KL44-07 95.2 98.8 0.0154 154 0.13 0.7 460 142 62 12 6 1 5 3.4 29 0.01
KL44-07 98.8 101.1 0.013 130 0.28 0.9 740 276 77 24 6 1 5.8 8.3 25 0.12
KL44-07 101.1 104.4 0.0145 145 0.11 1.2 600 139 48 53 10 1 3.1 4.7 23 0.12
KL44-07 104.4 107 0.0174 174 0.25 0.9 760 185 250 57 15 1 12.2 1.8 31 0.28
KL44-07 107 109.7 0.0076 76 0.05 0.1 152 50 270 49 1 1 5.9 1.3 30 0.01
KL44-07 109.7 113.3 0.0106 106 0.08 0.9 160 118 83 214 52 3 7.6 11.3 19 0.01
KL44-07 113.3 116.5 0.039 390 0.11 1.4 520 290 120 160 15 1 12 8.5 18 0.01
KL44-07 116.5 119.6 0.36 3600 0.16 3.2 3560 358 510 217 10 9 19 12.3 30 0.14
KL44-07 119.6 122.5 0.027 270 0.12 1.5 1870 560 73 174 6 1 14.9 8.0 36 0.14
KL44-07 122.5 125.8 0.0202 202 0.05 1.8 820 376 50 24 18 1 4.8 5.4 17 0.01
KL44-07 125.8 128.7 0.0065 65 0.04 1.2 480 225 15 18 4 1 1.5 5.1 19 0.01
KL44-07 128.7 131.3 0.0037 37 0.05 0.8 420 126 15 24 6 1 1.4 3.6 16 0.01
KL44-07 131.3 133.8 0.0071 71 0.04 1.2 460 158 26 42 7 1 2.2 4.9 20 0.01
KL44-07 133.8 137 0.019 190 0.07 1.4 520 266 30 24 4 1 3.1 3.3 21 0.01
KL44-07 137 140.1 0.0095 95 0.07 2.4 1780 890 35 22 11 1 5.2 9.3 23 0.01
KL44-07 140.1 142.7 0.0031 31 0.04 0.6 341 171 13 27 2 1 1.3 1.5 22 0.01
KL44-07 142.7 145.6 0.0024 24 0.03 0.5 232 83 11 18 2 1 0.8 1.2 19 0.01
KL44-07 145.6 148.9 0.002 20 0.03 0.5 248 66 6 78 2 1 0.6 0.8 21 0.01
KL44-07 148.9 151.6 0.0058 58 0.19 2.1 610 243 250 227 5 1 4 4.5 27 0.01
KL44-07 151.6 155.4 0.0199 199 0.09 0.8 630 135 58 41 6 1 1.4 2.5 26 0.14
KL44-07 155.4 158.6 0.0072 72 0.06 1.5 1050 409 24 25 6 1 1.2 4.5 19 0.01
KL44-07 158.6 161.7 0.0207 207 0.08 2.2 1060 480 64 27 6 1 3.8 5.8 12 0.1
KL44-07 161.7 164.3 0.0109 109 0.03 0.9 460 97 26 33 10 1 2.3 1.8 11 0.01



Appendix V - 410 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-07 164.3 167.4 0.0125 125 0.06 1.1 650 261 28 27 4 1 1.4 3.8 10 0.01
KL44-07 167.4 170.2 0.0115 115 0.04 1.3 1990 690 28 22 1 3 2.1 3.2 11 0.01
KL44-07 170.2 173.3 0.0325 325 0.04 1.2 530 120 120 20 1 1 4 2.7 13 0.01
KL44-07 173.3 176.8 0.0147 147 0.04 1 910 500 12 22 2 1 1.2 3.1 15 0.01
KL44-07 176.8 179.5 0.0205 205 0.05 1.6 1220 510 24 32 3 1 1 4.3 14 0.01
KL44-07 179.5 182.6 0.0296 296 0.03 2 1110 600 54 25 5 1 2 4.1 11 0.01
KL44-07 182.6 185 0.0311 311 0.04 2.4 1820 1410 59 44 4 1 2.5 7.2 12 0.01
KL44-07 185 187.9 0.042 420 0.05 1.5 1190 420 77 26 2 1 2.3 2.6 12 0.01
KL44-07 187.9 190.5 0.184 1840 0.13 5.3 2400 960 150 63 10 2 2.4 6.2 18 0.01
KL44-07 190.5 194.3 1.31 13100 1.15 24.3 4000 780 850 337 40 7 6.8 17.0 48 0.24
KL44-07 194.3 197.4 0.135 1350 0.36 13.4 8000 9200 120 167 32 2 8.3 17.5 32 0.22
KL44-07 197.4 200.4 0.062 620 0.4 7.5 9300 7500 180 50 7 5 11.3 18.0 30 0.27
KL44-07 200.4 203.2 0.0228 228 0.21 2.8 3200 700 89 17 6 2 2.2 5.8 21 0.15
KL44-07 203.2 205.4 0.061 610 0.29 2.1 3300 610 140 5 1 3 3.2 4.4 26 0.11
KL44-07 205.4 207.4 0.0291 291 0.29 1.5 2900 399 110 4 2 1 2.1 3.1 18 0.14
KL44-07 207.4 209.6 1.11 11100 1.57 18.9 5000 261 370 56 48 27 3.8 21.5 104 0.22
KL44-07 209.6 211.8 1.61 16100 3.76 23.2 8400 223 780 84 80 35 9.8 18.4 78 0.7
KL44-07 211.8 214.8 0.4 4000 1.85 7.5 7200 269 550 58 32 29 9.5 16.3 47 0.34
KL44-07 214.8 218.4 0.75 7500 4.14 12.5 71000 231 1060 36 22 91 14.3 36.0 103 1.07
KL44-07 218.4 221.2 1.1 11000 2.82 18.8 3250 170 530 295 28 55 8.5 22.7 66 0.36
KL44-07 221.2 224.3 0.71 7100 1.72 8.8 3300 235 320 42 10 26 10.5 14.3 58 0.01
KL44-07 224.3 227 0.675 6750 1.36 12.1 2300 73 80 73 19 17 2.6 32.4 50 0.01
KL44-07 227 230.1 0.32 3200 0.95 4.7 163 61 100 61 36 14 4.5 10.8 30 0.14
KL44-07 230.1 233.1 1.63 16300 2.42 12.8 338 65 150 137 22 25 7.4 16.5 58 0.01
KL44-07 233.1 236.4 2.2 22000 1.78 12.4 1300 890 530 303 18 29 18.7 17.2 167 0.24
KL44-07 236.4 239.4 1.48 14800 1.62 7.4 1110 440 160 180 9 21 4.8 21.5 72 0.01
KL44-07 239.4 242.4 0.74 7400 1.22 7.7 630 2300 150 560 7 35 8.5 19.0 120 0.01
KL44-07 242.4 245.4 0.6 6000 1.36 11.6 197 1130 170 321 14 60 7.8 25.3 80 0.01
KL44-07 245.4 248.4 0.76 7600 1.3 4 190 396 140 150 54 27 5.3 18.3 46 0.01
KL44-07 248.4 251.4 0.59 5900 1 4 147 216 180 45 4 25 5.8 7.5 141 0.01
KL44-07 251.4 254.4 1.25 12500 1.11 4.1 302 202 37 470 5 46 3 27.0 104 0.01
KL44-07 254.4 257.4 1.45 14500 2.63 3.4 241 129 49 168 6 27 3.8 19.5 78 0.01
KL44-07 257.4 259.9 2.29 22900 1.86 3.7 245 143 45 118 6 32 4 23.0 58 0.01
KL44-07 259.9 262.8 1.21 12100 0.7 3.3 310 174 75 45 7 40 5.3 8.0 62 0.01
KL44-07 262.8 266.4 0.59 5900 0.55 3.9 5260 3970 110 129 4 26 7.3 8.3 80 0.1
KL44-07 266.4 269.4 1.77 17700 0.89 3 2400 1100 110 28 3 27 7 17.0 80 0.01
KL44-07 269.4 272.2 0.59 5900 0.39 1.5 88 63 43 33 2 23 4 8.0 104 0.01
KL44-07 272.2 275.3 0.48 4800 0.51 2.3 660 960 110 14 1 22 6.5 7.3 105 0.01
KL44-07 275.3 278.3 0.83 8300 0.55 2.7 820 480 140 318 2 46 5.8 18.8 98 0.01
KL44-07 278.3 281.4 1.67 16700 0.94 4.3 203 209 310 76 1 36 11.5 8.8 78 0.01
KL44-07 281.4 284.2 0.64 6400 0.51 2.6 102 141 90 107 1 20 3.5 6.0 56 0.01
KL44-07 284.2 287.4 0.65 6500 0.64 2.9 157 99 55 1940 1 63 3 16.8 68 0.01
KL44-07 287.4 290.4 0.8 8000 0.68 2.3 210 275 73 225 1 35 3.5 15.0 74 0.01
KL44-07 290.4 293.4 1.3 13000 0.87 3.4 201 138 91 68 1 36 3.8 15.0 55 0.01
KL44-07 293.4 296.3 0.29 2900 0.28 1 223 224 41 403 5 20 2 18.8 49 0.01
KL44-07 296.3 299.4 0.3 3000 0.33 1.6 106 124 51 620 18 20 2.4 17.8 64 0.01
KL44-07 299.4 302.4 0.78 7800 0.52 3.7 121 338 45 3690 18 24 8.8 26.0 71 0.01
KL44-07 302.4 305.4 0.53 5300 0.6 2.4 530 1620 38 1280 9 23 7 24.3 55 0.01
KL44-07 305.4 308.4 0.22 2200 0.4 1.2 171 115 58 1470 4 18 2.5 19.0 43 0.01
KL44-07 308.4 311.4 0.25 2500 0.2 0.5 135 61 27 950 3 38 1.5 23.5 53 0.01
KL44-07 311.4 314.4 0.32 3200 0.75 0.7 101 58 55 1010 5 11 2 24.3 67 0.01
KL44-07 314.4 317.4 0.4 4000 0.41 0.7 163 90 36 760 3 9 1.3 20.8 83 0.01
KL44-07 317.4 320.4 0.42 4200 0.36 1 213 58 46 590 3 10 1.4 19.2 43 0.01
KL44-07 320.4 323.4 1.14 11400 0.71 3.4 500 175 99 680 5 13 3.5 9.4 60 0.01
KL44-07 323.4 326.4 0.99 9900 0.41 2.5 313 198 75 570 5 15 2.5 13.0 50 0.01
KL44-07 326.4 329.7 0.54 5400 0.43 2.4 3420 302 100 112 7 16 3.5 13.8 56 0.01
KL44-07 329.7 332.4 3.45 34500 2.12 10.5 830 307 280 4 26 37 7.4 20.0 104 0.01
KL44-07 332.4 335.4 2.15 21500 1.52 8.4 188 125 290 3 20 34 4.6 18.0 107 0.01
KL44-07 335.4 338.4 1.58 15800 3.22 4 217 131 200 6 12 27 8.2 17.0 40 0.01
KL44-07 338.4 341.4 1.67 16700 2.93 11.3 4400 440 470 7 37 111 9.9 18.8 53 0.01
KL44-07 341.4 343.4 1.04 10400 1.8 6.7 223 203 200 3 22 20 8.1 3.5 72 0.01
KL44-07 343.4 345.4 0.187 1870 1.14 1.6 1160 530 54 3 26 23 3.6 1.5 70 0.01
KL44-07 345.4 347.5 0.64 6400 2.1 15.6 65500 3500 560 2 54 2 14.2 10.2 78 0.12



Appendix V - 411 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-07 347.5 350.4 0.0303 303 0.45 9.1 16000 5200 190 4 6 2 8.5 2.8 21 0.01
KL44-07 350.4 353.4 0.112 1120 1.17 16.7 57500 9500 450 6 18 1 9 8.5 27 0.12
KL44-07 353.4 356.4 0.37 3700 0.65 1 80 19 2 10 1 9 0.01 3.4 68 0.01
KL44-07 356.4 359.4 0.065 650 0.24 6.3 13400 5300 260 35 1 1 5.8 2.6 23 0.01
KL44-07 359.4 362.4 0.062 620 0.48 9.5 19000 6500 340 4 0.01 1 10.8 1.5 27 0.01
KL44-07 362.4 364.5 0.072 720 0.71 35 38100 25000 330 5 1 2 36 2.1 21 0.01
KL44-07 364.5 368.4 0.173 1730 0.86 4.3 1630 863 68 17 5 6 2.4 2.2 22 0.01
KL44-07 368.4 371.4 0.0174 174 0.46 0.9 920 580 46 19 1 2 1.5 1.0 23 0.01
KL44-07 371.4 374.4 0.065 650 0.39 14.7 7000 3700 95 45 38 4 3 5.4 25 0.01
KL44-07 374.4 377.4 0.043 430 0.53 7.1 10000 5100 410 76 14 4 8.8 3.9 28 0.01
KL44-07 377.4 380.4 0.027 270 0.23 6.6 10400 9000 70 263 4 3 7.6 1.5 20 0.01
KL44-07 380.4 383.4 0.055 550 0.16 0.8 520 244 29 167 1 3 0.9 1.0 18 0.01
KL44-07 383.4 386.4 0.0171 171 0.11 0.5 640 305 43 73 4 1 1.3 1.4 17 0.01
KL44-07 386.4 389.4 0.0259 259 0.04 1.1 690 296 27 258 3 3 0.8 0.8 20 0.01
KL44-07 389.4 392.4 0.0253 253 0.04 4.5 2100 5300 26 24 0.01 3 5.8 0.8 21 0.01
KL44-07 392.4 395.4 0.0203 203 0.1 1.5 4900 2100 70 11 1 3 4.4 1.4 24 0.01
KL44-07 395.4 398.4 0.0196 196 0.05 0.1 470 56 32 14 2 3 0.7 0.0 28 0.01
KL44-07 398.4 401.4 0.012 120 0.08 0.1 690 197 45 54 3 2 1.8 0.8 19 0.01
KL44-07 401.4 404.4 0.015 150 0.11 0.1 376 141 53 6 0.01 2 2.6 1.5 18 0.01
KL44-07 404.4 407.4 0.004 40 0.07 0.1 410 168 38 10 2 1 2.8 1.1 31 0.01
KL44-07 407.4 410.4 0.0063 63 0.07 0.1 1050 540 36 7 4 1 2.6 1.5 25 0.01
KL44-07 410.4 413.4 0.0093 93 0.02 0.1 620 287 44 12 0.01 1 1.2 1.7 21 0.01
KL44-07 413.4 416.4 0.103 1030 0.13 1.3 1470 1470 100 14 2 10 4.4 7.7 29 0.01
KL44-07 416.4 419.4
KL44-07 419.4 422.4 0.0151 151 0.23 0.5 362 378 160 19 5 1 3.3 2.6 40 0.01
KL44-07 422.4 425.4 0.0199 199 0.2 1.2 8000 3100 160 22 2 3 4.8 2.5 24 0.01
KL44-07 425.4 428.4 0.135 1350 0.35 4.7 6600 3400 190 36 26 10 3.9 21.0 33 0.01
KL44-07 428.4 431.4 0.72 7200 0.88 13.5 2200 244 550 173 20 170 15.3 65.0 46 0.01
KL44-07 431.4 434.4 0.062 620 0.09 0.1 410 70 40 20 13 4 2.4 2.7 21 0.01
KL44-07 434.4 437.4 0.0042 42 0.02 0.1 201 31 54 6 0.01 3 2.3 1.3 23 0.01
KL44-07 437.4 440.4 0.0059 59 0.02 0.1 98 36 23 4 0.01 3 1.1 1.3 15 0.01
KL44-07 440.4 443 0.0087 87 0.14 0.1 285 119 47 6 0.01 1 2.2 1.6 20 0.01
KL44-07 443 444.4 0.527 5270 1.24 1.6 185 87 130 44 6 81 5.3 17.5 33 0.01
KL44-07 444.4 445.9 1.25 12500 1.22 1.9 227 122 23 79 2 50 3.3 34.5 38 0.01
KL44-07 445.9 448.9 1.48 14800 2.24 2.6 378 124 19 86 2 64 3.7 22.5 41 0.01
KL44-07 448.9 452 0.64 6400 1.26 1 365 214 200 58 2 12 3.6 9.3 63 0.01
KL44-07 452 455.1 0.169 1690 0.42 1.5 450 206 110 413 7 11 2.2 2.5 54 0.01
KL44-07 455.1 458.2 0.259 2590 0.51 3.2 650 730 150 156 24 14 4.2 7.0 110 0.01
KL44-07 458.2 461.2 0.419 4190 0.2 1.8 145 123 85 610 9 9 1.1 5.4 65 0.01
KL44-07 461.2 464.2 0.321 3210 0.13 1 112 55 54 470 6 4 0.7 5.2 83 0.01
KL44-07 464.2 465.9 0.315 3150 0.09 0.9 59 25 72 325 8 1 0.6 4.0 70 0.01
KL44-07 465.9 467.4 0.311 3110 0.09 1.6 83 73 88 1900 10 6 0.8 5.8 130 0.01
KL44-07 467.4 469.9 0.76 7600 0.49 8.7 4000 3900 300 1036 8 10 7.3 5.6 95 0.01
KL44-07 469.9 472.5 0.78 7800 0.61 8.8 5500 3400 340 884 5 8 7.6 10.0 91 0.01
KL44-07 472.5 475.6 0.358 3580 0.21 1.7 430 263 84 870 0.01 4 1.2 4.2 92 0.01
KL44-07 475.6 478.7 3.03 30300 7.59 8 178 63 270 615 112 30 1.7 18.0 61 0.01
KL44-07 478.7 481.8 1.52 15200 3.92 3.8 135 15 400 24 4 60 2.4 15.5 48 0.01
KL44-07 481.8 483.7 1.36 13600 1.85 4.4 640 28 590 46 7 50 4.6 20.5 49 0.01
KL44-07 483.7 485.8 1.64 16400 3.22 4.9 590 85 1450 11 4 66 22 18.0 88 0.01
KL44-07 485.8 488.4 0.184 1840 0.53 0.9 153 60 200 10 2 9 6.8 4.8 26 0.01
KL44-07 488.4 491.4 0.0038 38 0.03 0.1 66 15 18 1 0.01 1 0.4 1.8 18 0.01
KL44-07 491.4 494.4 0.0041 41 0.02 0.1 29 13 9 1 1 2 0.4 2.6 18 0.01
KL44-07 494.4 497.4 0.0042 42 0.03 0.1 33 12 11 4 1 1 0.5 1.3 15 0.01
KL44-07 497.4 500.4 0.0029 29 0.01 0.1 30 13 8 1 1 1 0.4 1.3 15 0.01
KL44-07 500.4 502.9 0.0058 58 0.06 0.1 89 24 34 4 2 1 0.9 2.3 21 0.01
KL44-07 502.9 504.9 0.0024 24 0.01 0.1 70 18 8 1 1 1 0.4 1.1 13 0.01
KL44-07 504.9 508 0.0035 35 0.01 0.1 38 13 9 8 0.01 1 0.3 0.9 13 0.01
KL44-07 508 510.5 0.003 30 0.02 0.1 98 24 9 2 0.01 1 0.4 1.1 13 0.01
KL44-07 510.5 512.6 0.0021 21 0.01 0.1 39 12 7 1 0.01 1 0.3 1.0 14 0.01
KL44-07 512.6 515.4 0.0117 117 0.02 0.1 64 21 20 4 0.01 1 0.8 1.7 18 0.01
KL44-07 515.4 518.4 0.0018 18 0.01 0.1 49 22 5 1 0.01 1 0.3 1.6 14 0.01
KL44-07 518.4 521.4 0.0036 36 0.01 0.1 47 15 10 2 0.01 1 0.6 1.3 21 0.01
KL44-07 521.4 524.4 0.0015 15 0.01 0.1 32 14 6 2 0.01 1 0.3 0.8 18 0.01



Appendix V - 412 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-07 524.4 527.4 0.0028 28 0.01 0.1 26 10 7 3 0.01 1 0.2 0.8 18 0.01
KL44-07 527.4 530.4 0.0038 38 0.01 0.1 25 10 10 4 0.01 1 0.7 1.7 18 0.01
KL44-07 530.4 532.6 0.0029 29 0.01 0.1 25 9 10 3 0.01 1 0.2 1.1 17 0.01
KL44-07 532.6 535.7 0.0098 98 0.01 0.1 56 21 10 4 0.01 1 0.6 2.3 24 0.01
KL44-07 535.7 537.5 0.0069 69 0.04 0.1 49 18 18 10 0.01 3 1 1.3 21 0.01
KL44-07 537.5 539.4 0.0014 14 0.04 0.1 34 9 19 7 0.01 1 1.3 1.3 26 0.01
KL44-07 539.4 542.4 0.005 50 0.05 0.1 155 27 29 4 0.01 1 1.2 1.7 11 0.01
KL44-07 542.4 545.4 0.0014 14 0.02 0.1 183 23 12 4 0.01 1 0.7 0.7 26 0.01
KL44-07 545.4 547.5 0.0033 33 0.05 0.1 201 36 29 4 0.01 1 2.3 1.2 17 0.01
KL44-07 547.5 549.4 0.0029 29 0.05 0.1 470 124 22 3 0.01 1 1.1 1.4 18 0.01
KL44-07 549.4 551.4 0.0084 84 0.04 1.2 930 412 10 6 0.01 1 1.4 14.0 18 0.01
KL44-07 551.4 553.8 0.0016 16 0.03 0.1 490 40 20 1 0.01 1 0.4 1.1 16 0.01
KL44-07 553.8 555.5 0.0093 93 0.01 0.1 85 21 10 1 0.01 1 0.6 0.7 20 0.01
KL44-07 555.5 557.4 0.0038 38 0.04 0.1 120 27 24 5 0.01 1 1 2.0 18 0.01
KL44-07 557.4 560.4 0.0112 112 0.02 0.1 490 234 15 6 0.01 1 0.5 3.6 15 0.01
KL44-07 560.4 563.4 0.0021 21 0.04 0.1 60 23 18 3 0.01 1 0.5 1.6 25 0.01
KL44-07 563.4 566.4 0.0017 17 0.1 0.1 57 15 18 3 0.01 1 0.7 0.7 25 0.01
KL44-07 566.4 569.4 0.0323 323 0.06 0.1 131 48 6 3 0.01 1 0.4 4.4 42 0.01
KL44-07 569.4 572.4 0.0022 22 0.01 0.1 29 11 3 4 0.01 1 0.2 0.5 18 0.01
KL44-07 572.4 575.4 0.0029 29 0.02 0.1 32 9 9 2 0.01 1 0.4 1.0 20 0.01
KL44-07 575.4 578.4 0.0036 36 0.14 0.6 90 27 55 6 0.01 1 3 3.3 28 0.01
KL44-07 578.4 581.4 0.0035 35 0.19 0.1 46 15 16 3 0.01 1 2 1.7 26 0.01
KL44-07 581.4 584.4 0.0019 19 0.02 0.1 28 11 6 2 0.01 1 0.4 1.0 17 0.01
KL44-07 584.4 587.4 0.0014 14 0.03 0.1 82 10 6 3 0.01 1 0.5 2.1 15 0.01
KL44-07 587.4 590.4 0.0009 9 0.01 0.1 68 16 8 4 0.01 1 0.3 1.2 17 0.01
KL44-07 590.4 593.4 0.001 10 0.01 0.1 32 16 8 6 0.01 1 0.4 1.6 21 0.01
KL44-07 593.4 596.4 0.0017 17 0.01 0.1 34 10 8 4 0.01 1 0.2 1.2 17 0.01
KL44-07 596.4 599.4 0.0008 8 0.01 0.1 20 11 5 3 0.01 1 0.2 0.6 15 0.01
KL44-07 599.4 601.7 0.0007 7 0.01 0.1 23 14 6 5 0.01 1 0.3 0.9 17 0.01
KL44-07 601.7 604.8 0.001 10 0.01 0.1 20 14 9 5 0.01 1 0.3 0.7 23 0.01
KL44-07 604.8 607.8 0.0032 32 0.01 0.1 19 16 9 5 0.01 1 0.3 0.6 18 0.01
KL44-07 607.8 610.9 0.0017 17 0.01 0.1 32 17 15 5 0.01 1 0.3 0.7 19 0.01
KL44-07 610.9 614 0.0008 8 0.01 0.1 17 9 6 3 0.01 1 0.3 1.2 17 0.01
KL44-07 614 617.1 0.0016 16 0.04 0.1 61 28 21 7 0.01 1 0.8 2.3 40 0.01
KL44-07 617.1 620.2 0.0035 35 0.03 0.1 16 14 9 4 0.01 1 0.5 1.3 18 0.01
KL44-07 620.2 623.3 0.0032 32 0.01 0.1 108 36 9 8 0.01 1 0.7 1.9 17 0.01
KL44-07 623.3 626.4 0.0009 9 0.01 0.1 37 17 7 3 0.01 1 0.4 0.8 16 0.01
KL44-07 626.4 629.4 0.0009 9 0.01 0.1 42 18 6 4 0.01 1 0.2 0.9 18 0.01
KL44-07 629.4 632.4 0.0017 17 0.02 0.1 49 16 7 3 0.01 1 0.2 1.0 17 0.01
KL44-07 632.4 635.4 0.001 10 0.02 0.1 49 17 6 5 0.01 1 0.01 1.2 16 0.01
KL44-07 635.4 638.4 0.0008 8 0.01 0.1 30 16 5 3 0.01 1 0.2 0.0 16 0.01
KL44-08 0 2 0.0065 65 0.01 0.7 178 253 10 2 0.01 1 2 0.9 18 0.01
KL44-08 2 4.1 0.0075 75 0.05 0.6 114 54 13 1 0.01 1 1.3 0.7 19 0.01
KL44-08 4.1 5.9 0.0112 112 0.07 0.7 193 81 17 4 0.01 1 0.9 0.7 22 0.01
KL44-08 5.9 8.4 0.0042 42 0.01 0.1 56 39 3 1 0.01 1 0.3 0.0 18 0.01
KL44-08 8.4 10.4 0.0115 115 0.01 0.1 73 61 8 1 0.01 1 0.9 1.3 21 0.01
KL44-08 10.4 13.4 0.0058 58 0.02 1 185 101 17 22 0.01 1 1.7 2.6 18 0.01
KL44-08 13.4 16.5 0.0037 37 0.02 0.8 69 50 14 2 0.01 1 1 1.8 18 0.01
KL44-08 16.5 19.6 0.004 40 0.02 0.5 63 42 20 6 0.01 1 1.5 2.0 17 0.01
KL44-08 19.6 22.7 0.0019 19 0.03 0.1 213 42 16 2 0.01 1 1.9 1.8 22 0.01
KL44-08 22.7 25.8 0.0038 38 0.03 1 580 76 29 20 1 1 3.2 3.1 22 0.01
KL44-08 25.8 28.9 0.0071 71 0.08 1.9 1520 107 32 3 0.01 1 7.8 4.1 24 0.01
KL44-08 28.9 31.8 0.0094 94 0.13 9.3 2570 748 110 34 5 1 7.7 10.1 16 0.5
KL44-08 31.8 33.6 0.0194 194 0.38 11.6 3560 3500 120 11 1 1 16.8 6.7 18 0.46
KL44-08 33.6 35.1 0.0167 167 0.11 1.3 1580 206 31 52 4 3 2.3 5.6 17 0.12
KL44-08 35.1 38.1 0.0112 112 0.01 0.1 147 61 10 3 0.01 1 1.5 2.0 19 0.01
KL44-08 38.1 41.1 0.004 40 0.02 0.1 76 51 7 6 0.01 1 0.7 3.2 21 0.01
KL44-08 41.1 43.1 0.0028 28 0.05 0.5 107 63 13 1 0.01 1 1.8 2.0 19 0.01
KL44-08 43.1 46.2 0.005 50 0.04 1.6 361 199 16 2 2 1 2.8 2.8 20 0.1
KL44-08 46.2 49.3 0.0046 46 0.04 1 510 160 24 1 0.01 1 2.5 1.9 26 0.01
KL44-08 49.3 52.4 0.0015 15 0.02 0.1 52 41 14 2 0.01 1 0.8 2.1 21 0.01
KL44-08 52.4 55.5 0.0018 18 0.01 0.1 43 24 6 2 0.01 1 0.3 1.1 23 0.01
KL44-08 55.5 58.6 0.0021 21 0.01 0.1 99 49 13 3 0.01 1 0.8 1.3 21 0.01



Appendix V - 413 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-08 58.6 61.2 0.0124 124 0.01 0.1 44 28 16 11 0.01 1 1.6 1.3 20 0.01
KL44-08 61.2 64.2 0.0022 22 0.02 0.1 43 23 21 3 0.01 1 1.1 1.7 20 0.01
KL44-08 64.2 67.3 0.003 30 0.02 0.1 47 54 22 6 0.01 2 0.9 2.5 26 0.01
KL44-08 67.3 70.4 0.0064 64 0.03 1.1 233 231 45 7 3 1 1.8 10.5 42 0.01
KL44-08 70.4 73.4 0.0034 34 0.11 0.1 116 83 25 4 0.01 3 2 3.7 21 0.01
KL44-08 73.4 76.4 0.0049 49 0.01 0.1 67 79 9 2 0.01 1 1.3 2.1 18 0.01
KL44-08 76.4 77.8 0.0304 304 0.04 0.1 242 82 24 74 4 1 2 4.3 23 0.01
KL44-08 77.8 80.1 0.0034 34 0.03 0.1 246 105 25 1 2 1 3.6 3.9 22 0.01
KL44-08 80.1 83.1 0.0134 134 0.06 0.1 264 210 31 4 1 1 2.4 4.9 35 0.01
KL44-08 83.1 86.1 0.0118 118 0.21 1.3 660 410 140 20 6 3 6.3 8.9 45 0.01
KL44-08 86.1 88.2 0.067 670 0.71 3.1 2260 870 82 108 25 6 5.6 21.5 81 0.01
KL44-08 88.2 89.6 0.0188 188 0.34 2 2780 408 120 24 4 7 10.5 4.5 87 0.18
KL44-08 89.6 92.1 0.094 940 1.36 22.6 14400 5700 370 25 66 4 113 69.2 40 2.5
KL44-08 92.1 95.1 0.211 2110 1.2 20.9 691 343 630 252 220 9 50 47.1 123 0.34
KL44-08 95.1 98.1 0.0211 211 0.51 6.1 1210 680 360 34 20 4 16 3.7 70 0.39
KL44-08 98.1 100.2 0.103 1030 0.44 6.6 2600 350 350 27 80 2 18 6.9 34 0.35
KL44-08 100.2 101.1 0.195 1950 0.52 9.3 1640 690 630 79 384 1 33 6.2 45 0.55
KL44-08 101.1 104 0.077 770 0.46 7.3 5700 780 500 810 142 4 26 8.8 50 0.45
KL44-08 104 106.8 0.0059 59 0.26 3.2 2400 990 250 600 10 2 8 7.0 59 0.19
KL44-08 106.8 109.9 0.0036 36 0.37 4.5 640 134 220 580 2 1 7.9 4.1 32 0.01
KL44-08 109.9 111.7 0.0085 85 0.71 6.9 3720 1350 420 1700 12 1 19.3 11.3 28 0.23
KL44-08 111.7 113.1 0.0237 237 0.72 6 13700 930 420 1370 67 8 15 36.8 41 0.15
KL44-08 113.1 116.1 0.45 4500 0.73 11.7 147500 850 200 1930 107 76 15 257.0 67 0.14
KL44-08 116.1 118.7 0.0297 297 0.31 3.8 12000 1050 83 177 22 7 6.3 35.9 24 0.2
KL44-08 118.7 119.7 0.0096 96 0.17 1.5 1700 212 54 28 3 1 4.7 6.3 20 0.31
KL44-08 119.7 122.1 0.0063 63 0.13 1.3 1060 640 69 38 4 1 5.2 8.4 18 0.14
KL44-08 122.1 123.4 0.0024 24 0.09 0.1 389 91 40 69 1 1 1.9 2.7 19 0.01
KL44-08 123.4 125.6 0.0027 27 0.07 0.1 410 201 30 41 2 1 2 4.1 20 0.01
KL44-08 125.6 128.2 0.0068 68 0.14 0.9 660 284 26 167 3 1 6.3 5.4 19 0.1
KL44-08 128.2 131.1 0.0089 89 0.05 0.1 740 58 15 22 2 1 3.5 4.5 26 0.1
KL44-08 131.1 134.3 0.0078 78 0.07 2 810 430 31 173 9 1 2.8 13.5 25 0.01
KL44-08 134.3 137.1 0.0023 23 0.03 0.1 124 47 11 52 2 1 1 2.0 21 0.01
KL44-08 137.1 139.3 0.0284 284 0.1 3.4 1420 357 68 69 22 1 8 17.0 30 0.01
KL44-08 139.3 142.6 0.073 730 1.78 2.2 6300 1470 780 86 18 9 34 8.7 39 0.38
KL44-08 142.6 145.7 0.0095 95 0.15 2.2 1190 710 38 74 8 1 3.3 14.5 30 0.01
KL44-08 145.7 147.4 0.0082 82 0.45 1.8 850 480 130 1400 7 1 7.2 10.3 51 0.11
KL44-08 147.4 150.5 0.0059 59 0.08 1.2 890 347 18 98 3 1 2.8 3.9 29 0.13
KL44-08 150.5 153.6 0.0218 218 0.19 2.6 3020 740 58 93 16 1 4 12.2 29 0.1
KL44-08 153.6 156.5 0.0099 99 0.1 1.9 860 790 25 47 5 1 3.6 8.0 29 0.01
KL44-08 156.5 158.7 0.0092 92 0.16 0.9 680 208 51 61 3 1 2.2 5.5 23 0.1
KL44-08 158.7 161.7 0.049 490 0.35 3.6 5500 1240 170 195 6 6 11 12.5 37 0.14
KL44-08 161.7 163.7 0.0149 149 0.2 2.7 1890 630 35 46 7 1 3.6 12.6 33 0.01
KL44-08 163.7 166.9 0.0215 215 0.22 3.1 2060 560 56 101 14 1 3.5 13.3 29 0.1
KL44-08 166.9 170.1 0.083 830 0.38 2.1 5900 392 290 145 7 1 7.4 12.0 19 0.21
KL44-08 170.1 173 0.0303 303 0.29 2.4 2800 1100 120 99 12 1 5.1 14.0 14 0.16
KL44-08 173 176 0.0221 221 0.25 2 5100 840 130 93 15 1 4 13.5 13 0.12
KL44-08 176 178.1 0.0332 332 0.46 5.1 7800 2170 260 148 17 1 8.3 30.5 13 0.11
KL44-08 178.1 181.1 0.0261 261 0.23 4.3 2950 2060 110 112 22 2 6.7 15.9 27 0.12
KL44-08 181.1 182.7 0.105 1050 0.65 3.2 3400 670 350 89 24 10 15.2 12.3 33 0.15
KL44-08 182.7 184.5 0.0138 138 0.37 1.4 700 254 140 43 7 1 3.2 6.6 14 0.21
KL44-08 184.5 186.5 0.0398 398 0.21 1.6 3550 227 130 110 16 1 8.7 4.3 22 0.13
KL44-08 186.5 188.1 0.0248 248 0.38 2.7 3480 680 250 114 18 1 14.2 9.0 19 0.16
KL44-08 188.1 190.6 0.0184 184 2.01 1.8 3000 590 400 127 16 2 9.6 5.9 26 0.88
KL44-08 190.6 193.6 0.084 840 6.61 6.3 13900 1300 1750 610 82 5 64 16.5 78 1.74
KL44-08 193.6 197.1 0.214 2140 0.55 1.1 1980 49 340 348 4 15 3.7 15.3 35 0.18
KL44-08 197.1 200.1 1.43 14300 1.16 4.8 40500 2140 860 110 42 151 12.9 124.0 90 0.42
KL44-08 200.1 203.1 0.067 670 0.6 1.8 6800 740 370 57 21 11 10.3 5.8 27 0.1
KL44-08 203.1 206.1 0.25 2500 0.53 1.6 12200 409 250 15 8 16 11.9 15.5 50 0.1
KL44-08 206.1 208.1 0.28 2800 1.84 2.3 2000 660 1100 146 26 20 36 12.3 42 0.21
KL44-08 208.1 210.5 0.044 440 0.15 1.7 640 180 50 234 7 1 4.4 13.3 32 0.01
KL44-08 210.5 213.9 0.012 120 0.79 0.8 1970 1300 270 8 8 1 14 7.5 21 0.01
KL44-08 213.9 215.1 0.202 2020 1.14 1.3 28600 210 680 27 6 60 20 18.0 73 0.19
KL44-08 215.1 217.3 1.89 18900 1.12 3.7 1160 298 360 710 2 34 5.6 42.5 45 0.01



Appendix V - 414 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-08 217.3 219.3 0.36 3600 0.5 1.2 1160 95 150 1280 4 14 3.7 10.5 22 0.01
KL44-08 219.3 221.1 0.64 6400 0.58 1.3 470 97 100 1990 2 22 2.2 11.8 32 0.01
KL44-08 221.1 224.1 0.137 1370 0.2 0.6 289 69 64 1940 7 9 1.8 9.8 39 0.01
KL44-08 224.1 227.1 0.146 1460 0.23 1 430 38 47 1750 5 101 2.5 39.7 30 0.01
KL44-08 227.1 230.1 0.61 6100 1.46 6.3 720 71 990 695 5 63 20 11.3 39 0.3
KL44-08 230.1 232.1 0.46 4600 1.24 4.9 1100 116 1180 346 4 23 28 8.0 50 0.25
KL44-08 232.1 235.1 0.37 3700 1.17 6.9 3650 181 860 360 18 39 35 14.3 34 0.45
KL44-08 235.1 237.3 0.36 3600 1.12 7 3680 178 900 354 17 40 37 14.5 36 0.45
KL44-08 237.3 240 0.0392 392 0.36 1.1 1220 138 240 200 12 4 12.3 4.3 34 0.25
KL44-08 240 242.5 0.056 560 0.34 1.1 7500 240 200 78 5 13 9.5 4.5 52 0.01
KL44-08 242.5 244.5 0.0113 113 0.18 3.2 1820 520 82 89 23 1 5.6 16.3 29 0.1
KL44-08 244.5 246.5 0.0138 138 0.15 1.2 1240 355 63 81 6 1 5.2 8.1 28 0.01
KL44-08 246.5 249.5 0.0049 49 0.31 1.6 1350 420 62 74 5 1 4.6 10.5 28 0.1
KL44-08 249.5 252.7 0.0091 91 0.2 1.7 1925 920 53 46 6 1 3.6 14.3 19 0.14
KL44-08 252.7 255.4 0.0183 183 0.34 2.4 2600 1120 80 95 11 1 5.2 15.8 34 0.01
KL44-08 255.4 257.1 0.0082 82 0.19 1 1380 318 52 70 6 1 4.8 8.7 19 0.01
KL44-08 257.1 259.5 0.0186 186 0.25 1.3 1910 420 72 49 11 1 6.4 12.5 18 0.18
KL44-08 259.5 262.6 0.0129 129 0.55 3.8 1970 1510 370 43 12 1 14.2 33.6 23 0.26
KL44-08 262.6 265.7 0.0087 87 0.24 0.1 700 580 55 26 4 1 3.9 14.3 17 0.12
KL44-08 265.7 268.8 0.0077 77 0.56 0.6 560 145 66 12 2 1 8 4.5 14 0.36
KL44-08 268.8 271.9 0.0127 127 0.15 0.1 1010 227 25 24 5 1 4.1 6.0 18 0.18
KL44-08 271.9 275 0.0038 38 0.14 0.1 770 405 20 8 4 1 3.1 8.0 16 0.1
KL44-08 275 278.1 0.0037 37 0.15 0.1 263 120 24 10 1 1 4 2.2 17 0.13
KL44-08 278.1 281.1 0.0235 235 0.22 0.7 910 88 33 48 9 1 5.3 7.0 16 0.18
KL44-08 281.1 284.1 0.0077 77 0.16 0.1 470 82 21 34 4 1 2.8 3.5 10 0.15
KL44-08 284.1 287.1 0.0036 36 0.28 0.1 182 113 31 23 5 1 3.8 4.8 16 0.3
KL44-08 287.1 290.1 0.0098 98 0.21 0.1 620 760 23 23 3 1 2.8 23.3 18 0.28
KL44-08 290.1 293.1 0.056 560 0.25 2.1 3050 166 55 148 9 6 4.8 6.0 13 0.32
KL44-08 293.1 296.1 0.085 850 0.08 0.1 1020 53 19 189 58 4 1.7 6.8 16 0.01
KL44-08 296.1 299.1 0.095 950 0.14 0.1 840 143 26 296 27 5 2 11.0 28 0.11
KL44-08 299.1 302.1 0.29 2900 0.32 14.7 12900 5600 67 450 107 26 6.2 105.0 38 0.24
KL44-08 302.1 305.1 0.125 1250 0.56 1.6 690 58 50 200 79 3 2.2 4.7 31 0.01
KL44-08 305.1 308.1 0.135 1350 0.12 0.5 2300 38 76 680 21 7 3.8 7.0 19 0.4
KL44-08 308.1 311.1 0.203 2030 0.82 1.1 6300 33 180 400 26 12 5.8 13.3 30 0.34
KL44-08 311.1 314.1 0.21 2100 0.93 2.1 20500 67 120 215 30 16 4.6 25.5 31 0.32
KL44-08 314.1 317.1 0.095 950 0.55 0.1 2170 77 48 75 52 3 6.5 7.8 35 0.3
KL44-08 317.1 320.1 0.0196 196 0.2 0.1 520 49 24 24 7 1 2.8 4.0 20 0.22
KL44-08 320.1 323.1 0.0041 41 0.19 0.1 105 17 26 8 0.01 1 1.9 1.9 19 0.14
KL44-08 323.1 326.1 0.48 4800 0.53 3.4 10000 374 38 151 2 32 3.9 11.2 20 0.18
KL44-08 326.1 329.1 0.0041 41 0.23 0.1 121 17 34 4 0.01 3 2.9 1.4 16 0.15
KL44-08 329.1 332.1 0.0024 24 0.1 0.1 32 12 59 3 0.01 1 1.2 0.0 18 0.01
KL44-08 332.1 335.1 0.0161 161 0.26 0.1 46 10 72 69 35 1 2.3 1.8 23 0.01
KL44-08 335.1 338.1 0.0055 55 0.12 0.1 149 10 36 10 3 1 1.7 1.7 16 0.01
KL44-08 338.1 341.1 0.0015 15 0.07 0.1 43 11 29 2 0.01 1 0.9 0.8 16 0.01
KL44-08 341.1 344.1 0.0019 19 0.05 0.1 46 10 18 2 0.01 1 1.1 1.1 15 0.01
KL44-08 344.1 347.1 0.0027 27 0.21 0.1 60 15 42 11 0.01 1 4.4 2.8 33 0.11
KL44-08 347.1 350.1 0.0016 16 0.29 0.1 26 12 48 3 0.01 1 5.2 1.7 20 0.15
KL44-08 350.1 353.1 0.001 10 0.01 0.1 19 13 19 2 0.01 1 0.5 0.8 15 0.01
KL44-08 353.1 356.1 0.0025 25 0.01 0.1 90 34 13 3 0.01 1 0.5 0.8 16 0.01
KL44-08 356.1 359.1 0.001 10 0.01 0.1 34 9 16 3 0.01 3 0.5 0.5 15 0.01
KL44-08 359.1 362.1 0.0025 25 0.01 0.1 35 7 10 5 0.01 1 0.4 1.7 14 0.01
KL44-08 362.1 365.1 0.0012 12 0.01 0.1 20 5 15 3 0.01 1 0.6 1.5 13 0.01
KL44-08 365.1 368.1 0.0038 38 0.01 0.1 36 9 30 12 0.01 1 0.6 1.7 16 0.01
KL44-08 368.1 371.1 0.0066 66 0.03 0.1 62 17 19 34 3 2 1 1.9 16 0.01
KL44-08 371.1 374.1 0.0017 17 0.02 0.1 30 12 20 6 0.01 1 1 1.5 18 0.01
KL44-08 374.1 377.1 0.0285 285 0.03 0.1 32 5 15 99 0.01 1 0.6 1.7 17 0.01
KL44-08 377.1 380.1 0.0034 34 0.01 0.1 35 7 14 15 0.01 1 0.5 0.7 16 0.01
KL44-08 380.1 383.1 0.0135 135 0.07 0.1 42 8 26 38 0.01 1 1.4 1.8 19 0.01
KL44-08 383.1 385.3 0.0036 36 0.01 0.1 24 9 14 27 0.01 1 0.3 0.0 12 0.01
KL44-08 385.3 388.4 0.0059 59 0.01 0.1 34 11 5 11 0.01 1 0.2 0.8 12 0.01
KL44-08 388.4 391.4 0.005 50 0.01 0.1 30 7 10 10 0.01 1 0.2 1.1 14 0.01
KL44-08 391.4 394.3 0.001 10 0.01 0.1 46 7 17 2 0.01 1 0.4 0.5 11 0.01
KL44-08 394.3 397.4 0.0096 96 0.01 0.1 31 10 24 11 0.01 3 0.5 0.8 12 0.01



Appendix V - 415 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-08 397.4 400.5 0.0085 85 0.02 0.1 34 7 23 9 3 3 1.4 0.9 13 0.01
KL44-08 400.5 403.6 0.0146 146 0.02 0.1 51 12 31 8 4 1 0.5 0.0 16 0.01
KL44-08 403.6 406.7 0.0159 159 0.01 0.1 149 11 24 6 0.01 3 0.4 0.0 16 0.01
KL44-08 406.7 409.9 0.0107 107 0.01 0.1 180 13 31 7 1 3 1.5 0.6 19 0.01
KL44-08 409.9 413.1 0.0259 259 0.06 0.1 153 14 72 31 2 4 2.3 1.5 32 0.01
KL44-08 413.1 416.1 0.0194 194 0.12 0.1 1160 22 63 43 6 4 1.3 1.8 31 0.01
KL44-08 416.1 418.7 0.0041 41 0.04 0.1 66 15 53 5 0.01 1 1.7 0.8 19 0.01
KL44-08 418.7 421.8 0.0047 47 0.02 0.1 56 13 30 6 1 1 1.8 0.5 16 0.01
KL44-08 421.8 424.7 0.0119 119 0.04 0.1 75 10 42 12 12 2 1.1 0.5 19 0.01
KL44-08 424.7 427.6 0.0038 38 0.03 0.1 46 10 25 2 1 1 0.6 0.0 16 0.01
KL44-08 427.6 430.6 0.0074 74 0.05 0.1 77 9 54 5 2 1 0.7 0.0 18 0.01
KL44-08 430.6 433.7 0.0065 65 0.05 0.1 53 8 47 4 1 2 1.3 0.0 15 0.01
KL44-08 433.7 436.8 0.0103 103 0.02 0.1 66 8 45 10 4 2 0.4 0.0 20 0.01
KL44-08 436.8 439.9 0.0113 113 0.02 0.1 92 9 18 2 2 1 0.3 0.0 13 0.01
KL44-08 439.9 442.8 0.0048 48 0.04 0.1 98 16 19 3 1 1 0.3 0.0 17 0.01
KL44-08 442.8 445.9 0.0067 67 0.04 0.1 67 7 30 2 1 1 0.4 0.0 21 0.01
KL44-08 445.9 449 0.059 590 1.96 0.8 237 11 25 224 136 3 0.7 3.6 28 0.01
KL44-08 449 451.8 0.147 1470 0.3 1.1 480 29 78 148 125 7 1.7 5.7 41 0.01
KL44-08 451.8 454.9 0.0112 112 0.06 0.1 70 13 40 74 5 1 1.2 0.6 28 0.01
KL44-08 454.9 458 0.008 80 0.01 0.1 37 8 17 3 0.01 1 0.2 0.0 23 0.01
KL44-08 458 461 0.0075 75 0.03 0.1 72 12 31 3 2 1 0.3 0.0 26 0.01
KL44-08 461 463.3 0.077 770 0.9 0.1 74 13 19 352 129 1 0.3 3.5 25 0.01
KL44-08 463.3 466.3 0.026 260 0.06 0.1 289 22 35 12 3 2 0.6 1.4 26 0.01
KL44-08 466.3 469.1 0.19 1900 0.21 1.2 125 16 45 43 7 3 1.2 2.8 23 0.01
KL44-08 469.1 472.4 0.0119 119 0.1 0.1 66 11 70 17 5 1 1.2 0.8 40 0.01
KL44-08 472.4 475.5 0.0315 315 0.05 0.1 60 10 67 36 0.01 1 0.8 0.9 37 0.01
KL44-08 475.5 478.6 0.0095 95 0.03 0.1 45 9 65 47 0.01 1 0.9 0.5 36 0.01
KL44-08 478.6 481.7 0.0013 13 0.01 0.1 51 10 36 3 0.01 1 0.6 2.1 20 0.01
KL44-08 481.7 484.8 0.0011 11 0.02 0.1 38 19 32 2 0.01 1 1.3 1.0 18 0.01
KL44-08 484.8 487.5 0.002 20 0.02 0.1 27 15 55 1 0.01 1 1.8 2.4 18 0.01
KL44-08 487.5 490.6 0.001 10 0.01 0.1 22 8 23 1 0.01 1 0.7 1.2 16 0.01
KL44-08 490.6 493.7 0.0032 32 0.02 0.1 133 200 11 2 0.01 1 0.7 1.4 19 0.01
KL44-08 493.7 496.8 0.0014 14 0.02 0.1 25 12 24 2 0.01 1 1 1.6 21 0.01
KL44-08 496.8 499.9 0.0013 13 0.02 0.1 58 24 42 3 0.01 1 0.8 1.5 18 0.01
KL44-08 499.9 503 0.014 140 0.18 0.1 163 27 200 1130 2 8 3.1 3.9 40 0.13
KL44-08 503 506.1 0.064 640 0.23 0.1 184 43 160 740 6 15 4.5 5.9 89 0.1
KL44-08 506.1 509 0.0277 277 0.59 0.7 163 24 240 1120 7 10 7.5 4.5 75 0.21
KL44-08 509 511.5 0.054 540 0.48 0.8 328 67 360 2970 7 12 10.8 6.5 122 0.39
KL44-08 511.5 514.6 0.083 830 1.49 1.6 388 49 590 1480 8 14 32 7.6 76 1.26
KL44-08 514.6 517.4 0.091 910 0.93 1.6 73 29 260 63 9 4 15.5 6.8 175 0.3
KL44-08 517.4 520.5 0.048 480 1.03 1.2 49 22 220 53 8 4 6.9 5.1 120 0.1
KL44-08 520.5 523.6 0.149 1490 0.63 1.5 81 18 560 29 4 5 22 6.1 63 0.14
KL44-08 523.6 525.2 0.109 1090 0.84 0.9 169 21 540 35 3 7 8.9 5.4 57 0.18
KL44-08 525.2 528.2 0.0287 287 0.18 0.1 880 102 130 23 16 3 4.9 5.3 27 0.1
KL44-08 528.2 530.1 0.0038 38 0.49 0.1 170 22 110 6 0.01 1 7.1 7.6 24 0.23
KL44-08 530.1 533.1 0.0033 33 0.15 1 113 17 77 4 1 1 3.4 5.2 21 0.1
KL44-08 533.1 536.1 0.008 80 0.02 0.1 23 12 40 3 0.01 1 2.3 1.6 17 0.01
KL44-08 536.1 539.1 0.0024 24 0.05 0.1 66 14 48 2 0.01 1 1.5 1.6 16 0.01
KL44-08 539.1 542.1 0.0019 19 0.04 0.1 41 13 35 3 0.01 1 1.2 1.4 17 0.01
KL44-08 542.1 545.1 0.0023 23 0.02 0.1 22 13 20 3 0.01 1 1.1 1.1 16 0.01
KL44-08 545.1 548.1 0.0235 235 0.26 0.5 24 14 120 5 2 1 5.5 2.4 17 0.01
KL44-08 548.1 550.3 0.0242 242 0.91 2.3 94 299 140 1700 168 8 9.9 19.5 58 0.01
KL44-08 550.3 553.4 0.0244 244 0.12 0.1 37 17 54 22 3 18 1.4 2.7 31 0.01
KL44-08 553.4 556.6 0.057 570 0.3 1.4 51 53 110 115 14 11 1.7 7.0 76 0.01
KL44-09 0 2.5 0.0048 48 0.01 0.1 24 16 6 2 0.01 1 0.2 0.5 23 0.01
KL44-09 2.5 5.5 0.0015 15 0.02 0.1 79 37 10 3 0.01 1 0.7 1.6 21 0.01
KL44-09 5.5 8.3 0.0036 36 0.59 4.6 460 119 40 2 0.01 1 5.1 3.8 25 1.43
KL44-09 8.3 9.8 0.0016 16 0.04 1 189 63 17 1 0.01 1 1 1.4 28 0.01
KL44-09 9.8 11.5 0.0085 85 0.01 14.5 197 75 14 5 0.01 1 1.1 2.3 20 0.01
KL44-09 11.5 14.5 0.0022 22 0.01 1.7 198 81 15 4 0.01 1 0.7 1.4 26 0.01
KL44-09 14.5 17.5 0.0046 46 0.03 10.3 5100 990 25 8 0.01 1 5.3 17.0 18 0.3
KL44-09 17.5 20.5 0.0013 13 0.01 0.1 46 20 8 3 0.01 1 0.4 1.3 21 0.01
KL44-09 20.5 23.5 0.001 10 0.01 1 57 43 15 4 0.01 1 0.3 1.1 29 0.01



Appendix V - 416 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-09 23.5 26.5 0.0029 29 0.01 8 870 1030 26 3 0.01 1 3.7 0.7 30 0.01
KL44-09 26.5 29.5 0.0012 12 0.01 2 118 62 9 2 0.01 1 0.3 0.5 31 0.01
KL44-09 29.5 32.5 0.001 10 0.01 0.1 22 22 6 1 0.01 1 0.01 0.0 24 0.01
KL44-09 32.5 35.5 0.0012 12 0.01 0.1 113 90 6 1 0.01 1 0.8 2.0 23 0.01
KL44-09 35.5 38.5 0.0124 124 0.74 18 11200 10400 210 1 0.01 1 22 210.0 27 0.91
KL44-09 38.5 41.5 0.0017 17 0.03 0.1 440 357 18 1 0.01 1 1.6 5.7 20 0.01
KL44-09 41.5 44.5 0.0018 18 0.02 0.1 135 123 11 2 0.01 1 0.9 3.0 20 0.01
KL44-09 44.5 47.5 0.0103 103 0.33 7.2 970 1200 170 33 7 1 31 7.8 36 0.54
KL44-09 47.5 50.5 0.0075 75 0.14 2.3 267 134 58 1 1 1 7 3.0 30 0.38
KL44-09 50.5 53.5 0.0063 63 0.24 4.6 1130 570 69 1 1 1 14 6.1 27 0.55
KL44-09 53.5 56.5 0.0265 265 0.3 17.8 870 640 210 2 0.01 1 18 8.9 41 0.66
KL44-09 56.5 59.5 0.0041 41 0.11 5.5 640 157 66 4 0.01 1 4.2 4.0 26 0.36
KL44-09 59.5 62.5 0.0012 12 0.04 0.7 87 95 29 1 0.01 1 1.1 2.8 24 0.01
KL44-09 62.5 65.5 0.0023 23 0.05 1 115 80 16 5 0.01 1 1.3 3.2 24 0.13
KL44-09 65.5 68.5 0.0038 38 0.25 2.6 87 71 55 1 0.01 1 4.2 5.2 25 0.45
KL44-09 68.5 71.5 0.003 30 0.27 2.1 520 266 76 3 0.01 1 5.5 7.5 36 0.68
KL44-09 71.5 74.5 0.0033 33 0.11 0.1 205 181 35 2 0.01 1 1.6 3.8 30 0.1
KL44-09 74.5 77.5 0.0018 18 0.38 0.8 121 167 160 2 3 1 3.8 6.4 28 0.17
KL44-09 77.5 80.5 0.0034 34 0.04 0.1 49 59 24 1 0.01 1 0.6 2.9 18 0.01
KL44-09 80.5 83.5 0.003 30 0.1 1.1 312 254 28 3 2 1 1.9 1.2 31 0.29
KL44-09 83.5 86.5 0.0032 32 0.08 0.8 237 193 61 2 1 1 1.5 1.3 30 0.1
KL44-09 86.5 89.5 0.002 20 0.05 0.6 266 156 62 1 2 2 1.4 1.0 20 0.01
KL44-09 89.5 91.6 0.0079 79 0.14 1 520 92 100 3 3 1 2.4 2.3 31 0.13
KL44-09 91.6 93 0.001 10 0.28 0.1 164 21 160 4 0.01 1 3.7 0.6 56 0.01
KL44-09 93 95.5 0.0086 86 0.18 1.1 1080 358 150 22 0.01 1 10.7 1.7 60 0.39
KL44-09 95.5 97.8 0.0118 118 0.22 0.9 184 63 120 24 2 3 5.8 10.3 140 0.11
KL44-09 97.8 99.8 0.0203 203 0.08 0.9 288 78 34 18 0.01 1 3 3.5 111 0.28
KL44-09 99.8 101.4 0.047 470 0.61 14.5 3980 920 210 36 7 2 46 33.3 83 3.3
KL44-09 101.4 104.5 0.24 2400 0.85 58 6200 6000 1430 40 116 9 165 77.5 75 5.58
KL44-09 104.5 107.4 0.0399 399 2.56 13.8 5800 2400 200 24 34 1 24 9.5 82 4.9
KL44-09 107.4 110.5 0.107 1070 0.51 2.9 2070 600 61 64 4 4 7.5 1.3 48 1.01
KL44-09 110.5 113.5 0.0171 171 0.23 1.7 1350 420 47 23 4 1 10.2 1.5 37 0.33
KL44-09 113.5 116.5 0.0043 43 0.26 0.7 960 233 55 23 1 1 3.5 1.7 153 0.1
KL44-09 116.5 119.5 0.0027 27 0.1 1.2 740 221 120 73 4 3 5.6 1.3 202 0.01
KL44-09 119.5 122.5 0.0346 346 0.27 3 1440 1340 350 50 20 8 40 7.8 276 0.19
KL44-09 122.5 125.5 0.0026 26 0.16 2.1 1180 345 170 69 14 4 10.3 3.3 191 0.17
KL44-09 125.5 128.5 0.0034 34 0.04 0.9 440 211 120 126 1 3 6.6 3.8 69 0.01
KL44-09 128.5 131.5 0.0057 57 0.03 1.4 450 246 29 430 4 3 4 3.0 21 0.01
KL44-09 131.5 134.5 0.0195 195 0.35 2.1 11300 1500 260 670 3 4 70 8.8 50 1.08
KL44-09 134.5 137.5 0.109 1090 0.76 11 7100 3000 660 570 75 7 120 25.2 116 1.01
KL44-09 137.5 140.5 0.0112 112 0.05 1 680 125 46 39 3 1 7.4 2.5 30 0.01
KL44-09 140.5 143.5 0.0156 156 0.12 2.7 3660 1930 56 100 6 3 13 10.5 31 0.14
KL44-09 143.5 146.5 0.0042 42 0.06 0.8 750 316 21 23 2 2 5 5.0 20 0.01
KL44-09 146.5 149.5 0.0094 94 0.04 0.8 860 211 33 29 3 2 4.5 5.3 25 0.1
KL44-09 149.5 151.7 0.0041 41 0.02 0.9 217 231 13 45 6 2 1.5 3.3 23 0.01
KL44-09 151.7 153.5 0.0057 57 0.05 2.2 770 590 36 76 7 3 6.5 9.3 21 0.01
KL44-09 153.5 155.5 0.0028 28 0.28 0.8 395 214 25 16 3 2 2.6 4.0 22 0.01
KL44-09 155.5 158.5 0.0038 38 0.1 0.8 430 355 45 26 3 2 2.7 2.9 41 0.01
KL44-09 158.5 160.2 0.0089 89 0.1 3.5 950 610 43 21 36 1 2.5 9.5 36 0.01
KL44-09 160.2 161.9 0.0042 42 0.07 1.5 370 460 16 25 7 1 1.4 3.3 24 0.01
KL44-09 161.9 164.9 0.0044 44 0.05 2 217 460 15 41 9 1 1.1 5.0 28 0.01
KL44-09 164.9 167 0.0027 27 0.05 2.1 310 650 23 37 7 1 1.2 3.5 27 0.01
KL44-09 167 169.6 0.006 60 0.19 5.4 1720 1930 52 31 22 1 5.5 10.0 26 0.01
KL44-09 169.6 172.5 0.0241 241 0.13 3.3 760 700 120 58 20 1 18.5 9.8 27 0.01
KL44-09 172.5 173.9 0.0318 318 0.62 7 2010 890 210 266 66 4 18.8 19.7 58 0.11
KL44-09 173.9 175.8 0.0127 127 0.24 4.8 1090 730 79 102 30 2 7 10.8 41 0.01
KL44-09 175.8 178.9 0.0105 105 0.13 12.4 1920 1550 39 30 56 1 7.8 12.0 33 0.01
KL44-09 178.9 181.3 0.0054 54 0.07 2.9 650 670 29 35 13 1 3 6.8 32 0.01
KL44-09 181.3 182.5 0.072 720 0.19 5 1150 1260 270 76 16 1 36 12.0 29 0.11
KL44-09 182.5 184.1 0.0128 128 0.08 3.2 660 1330 53 38 7 1 9.3 9.0 15 0.01
KL44-09 184.1 185.5 0.0098 98 0.06 1.7 790 1240 37 26 4 1 2.8 6.3 10 0.01
KL44-09 185.5 188.5 0.0165 165 0.1 6.7 5000 3200 46 34 18 1 4 19.2 18 0.01
KL44-09 188.5 191.5 0.0024 24 0.04 0.8 289 268 10 15 3 1 1.5 2.5 9 0.01



Appendix V - 417 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-09 191.5 193.6 0.0065 65 0.03 0.8 276 172 24 15 4 1 1.7 3.3 9 0.01
KL44-09 193.6 195.1 0.076 760 0.09 1.7 530 217 270 26 5 3 23 4.0 12 0.01
KL44-09 195.1 198 0.011 110 0.04 3.8 1720 1580 25 26 22 1 3.7 14.7 15 0.01
KL44-09 198 201 0.0084 84 0.03 1.6 1140 640 20 33 7 1 1.4 7.0 13 0.01
KL44-09 201 203.1 0.0071 71 0.03 2 700 600 19 21 6 1 1.4 8.0 12 0.01
KL44-09 203.1 206.1 0.121 1210 0.26 42 68000 26900 81 12 118 2 9.3 175.0 22 0.35
KL44-09 206.1 207.7 0.0245 245 0.07 8.8 7000 4900 22 10 26 1 2.9 36.7 16 0.1
KL44-09 207.7 209.5 0.167 1670 0.23 33 22000 10100 240 59 152 1 40 114.0 22 0.1
KL44-09 209.5 212.5 0.36 3600 0.36 6.9 25200 800 660 268 72 31 70 82.5 55 0.1
KL44-09 212.5 215.5 1.04 10400 0.59 14.5 79000 860 1620 592 66 46 50 66.0 48 0.36
KL44-09 215.5 218.5 0.54 5400 0.64 10.3 20100 350 500 564 34 18 18.3 54.7 62 0.1
KL44-09 218.5 221.5 0.51 5100 0.83 12.5 51500 580 350 890 204 21 5.3 76.0 49 0.12
KL44-09 221.5 224.3 0.65 6500 1.11 38 70000 2000 1110 490 1510 19 40 179.0 90 0.15
KL44-09 224.3 226 0.57 5700 0.87 12.6 40000 215 490 577 109 9 9.5 73.0 109 0.1
KL44-09 226 228.5 2.57 25700 2.76 35 23000 174 2800 581 256 4 10.8 45.0 40 0.19
KL44-09 228.5 232.5 1.5 15000 2.24 28.1 25500 300 2100 910 830 8 30 84.0 59 0.15
KL44-09 232.5 233.5 0.29 2900 0.54 6.9 15900 171 290 790 140 2 6 30.0 32 0.01
KL44-09 233.5 236.1 0.305 3050 0.31 5.4 3770 178 69 135 52 2 0.7 16.4 18 0.01
KL44-09 236.1 239.2 0.155 1550 0.32 3.4 3000 126 40 52 18 2 1 14.0 18 0.01
KL44-09 239.2 242.3 0.179 1790 0.26 2.6 2720 293 62 24 10 4 2.1 10.0 25 0.01
KL44-09 242.3 245.4 0.095 950 0.16 1.7 3460 314 280 20 5 9 6.5 8.8 26 0.01
KL44-09 245.4 248.5 0.199 1990 0.27 3.5 2920 1400 450 16 7 11 5 15.0 22 0.01
KL44-09 248.5 251.5 0.21 2100 0.26 3.3 2060 161 340 31 11 10 4.2 13.7 28 0.1
KL44-09 251.5 254.5 0.34 3400 0.49 4.5 9200 146 820 21 4 21 8.3 15.3 35 0.16
KL44-09 254.5 257.5 0.3 3000 0.4 3.2 7200 120 920 31 7 11 11.3 12.0 37 0.59
KL44-09 257.5 260.5 0.44 4400 0.85 5.1 18100 510 1710 38 42 18 40 14.7 43 1.56
KL44-09 260.5 263.5 0.75 7500 1.21 6.8 5600 860 2600 38 4 24 130 21.3 80 2.56
KL44-09 263.5 266.5 0.69 6900 0.64 1.8 3400 146 1860 22 2 41 15.5 40.1 116 0.74
KL44-09 266.5 269.5 0.81 8100 0.82 1.6 1360 90 820 17 0.01 40 8 20.5 73 0.16
KL44-09 269.5 272.5 0.76 7600 0.78 1.3 6600 320 1180 92 0.01 25 6.8 11.4 92 0.35
KL44-09 272.5 275.5 0.57 5700 0.7 1.2 3200 750 1350 13 1 30 24 16.9 130 0.52
KL44-09 275.5 278.5 0.82 8200 0.56 2 1300 405 490 28 4 30 6.5 12.0 62 0.15
KL44-09 278.5 281.5 0.84 8400 0.64 2.1 4500 530 1140 80 0.01 28 5 15.5 103 0.27
KL44-09 281.5 284.5 0.76 7600 0.67 3.1 2700 183 910 53 0.01 20 5.8 10.8 182 0.76
KL44-09 284.5 287.5 0.93 9300 0.57 2 160 164 46 108 2 30 4.5 14.5 174 0.18
KL44-09 287.5 290.5 0.73 7300 0.44 2.9 1880 630 1080 1500 0.01 16 3.6 7.9 98 0.41
KL44-09 290.5 293.5 0.175 1750 0.13 1.1 1580 1500 240 560 0.01 6 0.9 4.5 235 0.26
KL44-09 293.5 296.5 0.162 1620 0.47 1.4 3590 1530 370 1925 0.01 12 2.2 9.4 173 0.3
KL44-09 296.5 299.5 0.454 4540 0.26 1.7 800 145 56 188 0.01 17 2.2 9.5 49 0.01
KL44-09 299.5 302.1 0.135 1350 0.16 0.6 940 237 83 440 0.01 9 3.3 4.8 54 0.01
KL44-09 302.1 305.1 0.143 1430 0.12 0.1 670 74 63 560 0.01 6 2.3 2.5 52 0.01
KL44-09 305.1 308.1 0.53 5300 0.32 1.6 185 21 38 168 0.01 15 2.1 7.3 46 0.01
KL44-09 308.1 311.3 0.487 4870 0.34 1.9 160 28 11 42 0.01 14 0.3 8.8 17 0.01
KL44-09 311.3 314.3 0.67 6700 0.35 2 155 16 31 170 0.01 20 2.3 9.0 54 0.01
KL44-09 314.3 317.4 0.94 9400 0.52 2.3 180 36 20 762 0.01 20 0.7 12.0 30 0.01
KL44-09 317.4 320.5 0.214 2140 0.18 1 60 22 14 1370 0.01 11 1.2 5.3 55 0.01
KL44-09 320.5 323.5 0.415 4150 0.33 1.4 260 213 28 1270 0.01 19 1.1 8.5 31 0.01
KL44-09 323.5 326.5 1.4 14000 0.75 3.1 155 66 11 540 0.01 27 0.9 16.0 26 0.01
KL44-09 326.5 329.5 0.66 6600 0.42 1.4 50 23 24 43 2 12 0.3 7.0 105 0.01
KL44-09 329.5 332.5 0.97 9700 0.6 3.9 154 21 19 225 0.01 17 1.9 16.0 26 0.01
KL44-09 332.5 335.5 0.304 3040 0.19 1.7 171 17 7 265 0.01 11 0.4 7.0 18 0.01
KL44-09 335.5 338.5 0.419 4190 0.3 2.1 384 52 36 72 0.01 15 1.4 7.5 72 0.01
KL44-09 338.5 340.5 0.82 8200 0.31 1.2 54 46 24 88 3 20 0.2 12.0 87 0.01
KL44-09 340.5 344 0.198 1980 0.33 1 3380 440 140 140 1 11 2.6 6.3 117 0.1
KL44-09 344 346.8 0.36 3600 0.44 1.4 9010 910 350 457 0.01 34 2.1 8.0 122 0.01
KL44-09 346.8 349.9 1.73 17300 0.92 2.6 3380 630 37 169 0.01 34 0.5 12.0 39 0.01
KL44-09 349.9 352.9 0.403 4030 0.23 1.3 6120 1310 220 206 0.01 13 1.6 7.8 73 0.01
KL44-09 352.9 355.9 0.48 4800 0.44 1.7 14100 4300 360 74 0.01 13 3.5 7.0 108 1.33
KL44-09 355.9 359.5 0.307 3070 0.16 1.2 258 74 17 47 0.01 7 0.5 3.3 40 0.01
KL44-09 359.5 362.5 0.22 2200 0.13 0.7 104 51 13 230 0.01 6 0.01 4.3 37 0.01
KL44-09 362.5 365.5 0.71 7100 0.28 2.2 121 56 24 486 0.01 16 1.8 7.5 67 0.01
KL44-09 365.5 368.5 1.61 16100 0.84 3.7 211 108 7 803 0.01 24 0.5 9.5 51 0.01
KL44-09 368.5 371.5 0.67 6700 0.42 3 2050 680 71 11 10 21 1.5 5.3 20 0.16



Appendix V - 418 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-09 371.5 374.5 1.63 16300 0.72 3.3 3170 490 54 130 0.01 28 2 11.0 45 0.01
KL44-09 374.5 377.5 1.67 16700 0.85 3.6 121 30 3 116 0.01 46 0.4 17.0 20 0.01
KL44-09 377.5 380.2 0.72 7200 0.35 2.5 197 86 84 433 1 17 1.9 5.8 60 0.01
KL44-09 380.2 383.3 2.88 28800 1.26 4.8 115 28 6 35 0.01 46 0.6 25.0 23 0.01
KL44-09 383.3 386.4 1 10000 0.6 2.2 145 146 3 23 0.01 21 1.3 7.5 22 0.01
KL44-09 386.4 389.5 2.89 28900 1.21 3.7 243 56 2 6 0.01 30 0.9 18.0 27 0.01
KL44-09 389.5 392.5 0.422 4220 0.26 1.9 115 40 7 15 0.01 13 0.5 4.8 23 0.01
KL44-09 392.5 395.5 0.66 6600 0.28 2.2 307 118 14 21 1 17 1.1 5.3 22 0.01
KL44-09 395.5 398.5 2.02 20200 0.91 4.5 720 241 7 15 2 36 1.9 12.5 24 0.01
KL44-09 398.5 401.5 2.04 20400 0.92 4.4 240 49 10 44 0.01 34 1.6 19.0 23 0.01
KL44-09 401.5 404.5 0.85 8500 0.62 2.6 170 29 17 796 0.01 20 1 10.5 32 0.01
KL44-09 404.5 407.5 0.086 860 0.11 0.8 450 167 18 6 3 14 0.8 2.7 12 0.01
KL44-09 407.5 411.5 2.18 21800 0.91 3.4 112 37 2 48 0.01 31 0.3 20.0 17 0.01
KL44-09 411.5 413.5 0.168 1680 0.17 1.5 630 241 20 10 4 12 0.7 7.2 17 0.01
KL44-09 413.5 416.5 0.354 3540 0.25 2.5 520 176 41 6 2 14 1.5 6.2 20 0.01
KL44-09 416.5 419.5
KL44-09 419.5 422.5 2.35 23500 1.2 6.5 740 200 8 67 4 60 2.6 13.5 18 0.01
KL44-09 422.5 425.5 1.69 16900 0.8 3.8 480 126 2 17 7 68 1.5 8.0 13 0.01
KL44-09 425.5 428.5 2.8 28000 1.2 5.9 600 171 4 4 3 42 1.3 14.5 17 0.01
KL44-09 428.5 431.5 2.81 28100 2.86 4.2 850 550 8 47 1 37 2.8 16.0 23 0.01
KL44-09 431.5 434.5 1.23 12300 0.62 1.3 346 97 3 9 1 30 2.8 5.5 22 0.01
KL44-09 434.5 437.5 1.74 17400 0.88 3.8 540 1030 13 25 7 28 1.8 13.5 31 0.01
KL44-09 437.5 440.5 0.64 6400 0.4 1 251 221 31 33 2 16 2.8 5.7 24 0.01
KL44-09 440.5 443.5 0.64 6400 0.36 1.2 258 251 10 30 2 20 1 5.9 45 0.01
KL44-09 443.5 446.5
KL44-09 446.5 449.5 2.72 27200 1.63 4.2 610 137 2 14 2 33 0.3 18.0 31 0.01
KL44-09 449.5 452.5 2.78 27800 2.26 5 650 530 3 14 3 35 0.7 16.0 27 0.01
KL44-09 452.5 455.5 3.85 38500 2.22 5.4 1050 510 3 6 2 42 0.5 10.0 23 0.01
KL44-09 455.5 458.5 2.85 28500 2.42 5 900 375 6 8 2 36 0.7 9.0 27 0.01
KL44-09 458.5 461.5 4.79 47900 4.78 8.6 1220 680 6 8 2 32 0.9 9.0 32 0.01
KL44-09 461.5 464.5 4.6 46000 4.98 9 1210 680 7 10 2 34 0.8 10.0 37 0.01
KL44-09 464.5 467.5 4.59 45900 4.04 8.5 1200 2840 8 7 1 45 1.4 12.0 34 0.01
KL44-09 467.5 470.5 5 50000 4.56 9.6 1720 183 7 7 0.01 42 0.9 9.4 24 0.01
KL44-09 470.5 473.5 2.8 28000 1.66 6.7 1310 560 3 53 1 37 1 10.0 35 0.01
KL44-09 473.5 476.5 2.88 28800 1.96 10.5 2090 2150 2 175 2 31 1.2 6.0 24 0.01
KL44-09 476.5 479.5 3.85 38500 1.72 4.2 1180 286 1 465 2 35 0.7 9.0 24 0.01
KL44-09 479.5 482.5 1.93 19300 0.92 3.1 800 127 4 9 3 30 0.8 10.3 39 0.01
KL44-09 482.5 485.5 0.6 6000 0.3 1.2 63 12 2 33 1 78 0.01 13.8 23 0.01
KL44-09 485.5 488.5 2.31 23100 1.36 17.7 415 40 6 22 32 25 1 31.0 53 0.01
KL44-09 488.5 490.9 2.28 22800 0.5 7.3 192 132 76 25 10 20 0.6 29.0 84 0.01
KL44-09 490.9 493.9 1.65 16500 0.38 3.5 430 365 55 600 7 24 1.1 18.5 116 0.01
KL44-09 493.9 495.5 2.07 20700 0.26 3.5 186 160 24 2170 2 38 0.5 19.0 180 0.01
KL44-09 495.5 497.5 1.85 18500 0.27 1.8 346 1020 20 13700 7 23 0.3 14.5 171 0.01
KL44-09 497.5 500.5 0.454 4540 0.04 0.8 122 71 10 200 2 15 0.5 12.3 227 0.01
KL44-09 500.5 503.5 0.92 9200 0.2 2.1 283 128 40 84 8 16 0.4 18.0 99 0.01
KL44-09 503.5 506.5 1.19 11900 0.28 0.8 311 136 55 173 1 26 0.4 19.3 124 0.01
KL44-09 506.5 509.5 0.79 7900 0.15 1.3 520 122 31 216 1 21 0.2 15.5 90 0.01
KL44-09 509.5 512.5 1.78 17800 0.33 2.1 196 106 18 87 2 36 0.2 21.0 133 0.01
KL44-09 512.5 515.5 1.74 17400 0.32 2.6 222 132 14 506 2 26 0.2 12.0 119 0.01
KL44-09 515.5 518.5 1.46 14600 0.3 2.3 180 129 13 742 3 22 0.3 11.5 128 0.01
KL44-09 518.5 521.6 1.4 14000 0.34 0.9 189 82 16 368 2 20 0.3 14.0 152 0.01
KL44-09 521.6 524.5 1.06 10600 0.46 1.2 181 69 25 226 3 17 0.2 13.0 113 0.01
KL44-09 524.5 527.5
KL44-09 527.5 530.5 0.82 8200 0.32 0.9 411 183 58 161 1 27 0.6 18.5 99 0.01
KL44-09 530.5 533.5 0.94 9400 0.5 1.5 172 98 25 238 2 25 0.4 14.5 156 0.01
KL44-09 533.5 536.5 1.75 17500 0.51 2.7 212 210 39 112 1 26 3.5 15.0 140 0.01
KL44-09 536.5 539.5 0.78 7800 0.11 3.4 235 103 94 147 19 24 4.3 11.3 177 0.22
KL44-09 539.5 542.5 0.74 7400 0.8 2.2 780 470 53 67 18 25 0.9 18.8 130 0.01
KL44-09 542.5 545.5 0.76 7600 0.48 2.6 86 37 21 46 4 16 0.3 9.5 126 0.01
KL44-09 545.5 548.5 0.85 8500 0.63 2.2 420 113 55 94 6 17 0.6 14.8 119 0.01
KL44-09 548.5 551.5 0.408 4080 0.18 1.2 100 64 25 31 7 14 1 18.2 91 0.01
KL44-09 551.5 553.8 0.69 6900 0.27 1.4 115 148 190 85 6 13 0.4 12.6 127 0.24
KL44-09 553.8 557 1.58 15800 0.48 1.8 115 73 34 131 7 20 0.5 19.5 96 0.01



Appendix V - 419 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-09 557 560.1 1.33 13300 0.44 3.6 51 15 0.01 274 1 46 0.01 17.0 58 0.01
KL44-09 560.1 563.2 0.71 7100 0.29 1.4 60 28 25 36 4 13 0.3 6.5 115 0.01
KL44-09 563.2 566.5 0.53 5300 0.25 1.9 37 22 22 65 5 12 0.2 6.0 89 0.01
KL44-09 566.5 569.5 1.56 15600 0.46 4.3 88 62 40 59 7 16 0.5 11.5 95 0.01
KL44-09 569.5 572.5 0.438 4380 0.29 1.2 50 27 17 15 10 14 0.01 13.5 124 0.01
KL44-09 572.5 575.5 0.68 6800 0.35 1.4 129 43 47 22 6 13 0.7 13.3 132 0.01
KL44-09 575.5 578.5 0.497 4970 0.16 1.1 185 32 28 54 8 13 0.4 16.7 184 0.01
KL44-09 578.5 581.5 1.8 18000 0.49 5.4 60 16 11 164 4 25 0.01 12.5 81 0.01
KL44-09 581.5 584.5 0.399 3990 0.08 1.3 57 78 58 403 2 15 1.1 12.3 166 0.1
KL44-09 584.5 587.5 0.67 6700 0.29 2.7 70 61 31 573 9 16 5.6 7.3 82 0.01
KL44-09 587.5 590.5 0.509 5090 0.2 1.8 34 9 3 432 5 12 0.3 6.2 79 0.01
KL44-09 590.5 593.5 1.22 12200 0.47 3.1 60 107 30 245 13 33 12.5 9.0 96 0.01
KL44-09 593.5 596.5 0.499 4990 0.17 1.6 43 9 2 530 1 13 0.01 6.1 81 0.01
KL44-09 596.5 599.5 0.496 4960 0.17 1.8 44 7 4 54 3 15 0.01 7.8 88 0.01
KL44-09 599.5 602.5 0.6 6000 0.24 1.5 65 13 3 75 1 13 0.01 7.0 68 0.01
KL44-09 602.5 605.5 0.72 7200 0.32 3.2 63 73 18 461 7 23 7.4 6.3 67 0.01
KL44-09 605.5 608.5 1.54 15400 0.65 7.7 930 182 26 1140 57 22 0.7 10.3 51 0.01
KL44-09 608.5 611.5 1.27 12700 0.55 5.5 95 52 9 5500 4 16 0.2 12.0 56 0.01
KL44-09 611.5 614.5 1.19 11900 0.56 5.5 232 60 18 2580 13 16 0.2 1.5 57 0.01
KL44-09 614.5 617.5 1.3 13000 0.64 6.2 510 96 21 2660 22 18 0.4 10.5 52 0.01
KL44-09 617.5 618.7 2.21 22100 0.63 3.5 264 72 8 6800 2 22 0.5 14.0 83 1.52
KL44-09 618.7 620.5 0.287 2870 0.12 1.4 248 186 19 703 2 12 0.2 16.7 186 0.68
KL44-09 620.5 623.5 0.378 3780 0.28 2.8 680 177 15 26 27 17 0.4 3.5 20 0.01
KL44-09 623.5 626.5 0.295 2950 0.09 1.2 33 106 41 625 4 10 1.2 11.5 139 0.1
KL44-09 626.5 629.5 0.495 4950 0.12 1.5 79 107 360 390 3 16 7.2 15.8 90 0.3
KL44-09 629.5 632.5 0.483 4830 0.21 2.3 1320 1410 400 321 5 23 35 11.8 171 0.86
KL44-09 632.5 635.5 0.54 5400 0.15 2.4 259 248 47 148 4 14 0.8 14.0 136 0.37
KL44-09 635.5 638.5 0.67 6700 0.08 1.9 156 107 260 200 3 15 5.9 10.3 70 0.01
KL44-09 638.5 641.5 0.476 4760 0.12 4.3 210 259 40 177 19 15 1.2 11.3 153 0.39
KL44-09 641.5 644.5 0.084 840 0.05 1.2 102 107 24 139 3 12 0.6 11.8 168 0.1
KL44-09 644.5 647.5 0.289 2890 0.07 2 93 71 170 231 2 13 3.7 16.9 186 0.21
KL44-09 647.5 650.5 0.93 9300 0.13 7 180 72 110 147 50 14 1.4 7.3 170 0.43
KL44-09 650.5 653.5 0.287 2870 0.09 1.6 107 264 16 261 4 16 0.5 13.0 124 0.2
KL44-09 653.5 656.5 0.328 3280 0.18 1.1 68 18 3 7 1 25 3.4 3.9 33 0.01
KL44-09 656.5 659.5 1.14 11400 2.4 5.2 2500 950 3800 165 1 32 14.9 9.5 135 0.75
KL44-09 659.5 662.5 0.65 6500 0.19 1.6 98 56 100 271 3 15 1.6 6.0 74 0.01
KL44-09 662.5 665.5 0.56 5600 0.12 1.2 103 55 7 224 2 18 0.5 10.5 142 0.18
KL44-09 665.5 668.5 0.463 4630 0.12 1 104 53 10 297 2 16 0.01 7.3 116 0.01
KL44-09 668.5 671.5 0.309 3090 0.09 2.3 620 193 23 95 2 13 0.3 9.0 117 0.31
KL44-09 671.5 674.5 0.23 2300 0.07 1.5 710 256 20 143 5 14 0.2 9.5 121 0.18
KL44-09 677.5 680.5 0.61 6100 0.09 1.9 124 122 110 182 3 18 0.4 10.0 148 0.23
KL44-09 680.5 683.5 0.356 3560 0.07 0.8 29 26 2 351 1 19 0.01 9.0 135 0.01
KL44-09 683.5 686.5 0.24 2400 0.05 0.7 110 70 2 354 1 21 0.01 11.0 148 0.01
KL44-09 686.5 689.5 0.165 1650 0.04 0.5 45 31 2 144 1 22 0.01 10.7 195 0.01
KL44-09 689.5 692.5 1.03 10300 0.13 2.2 57 50 13 281 1 27 0.3 14.3 70 0.27
KL44-09 692.5 695.5 1.2 12000 0.39 4 71 43 9 258 4 22 0.2 11.0 153 0.23
KL44-09 695.5 698.5 0.21 2100 0.1 0.8 55 51 18 200 3 16 0.6 8.5 226 0.01
KL44-09 698.5 701.5 0.28 2800 0.09 0.6 46 50 45 420 3 23 1.7 13.8 253 0.01
KL44-09 701.5 704.5 0.31 3100 0.11 0.8 47 48 20 490 2 37 0.6 14.5 155 0.01
KL44-09 704.5 707.5 0.59 5900 0.14 1.4 40 32 21 430 3 33 0.01 10.3 150 0.01
KL44-09 707.5 709 3.41 34100 0.77 11.6 253 1090 480 169 126 20 150 14.5 72 0.01
KL44-09 709 710.5 0.504 5040 0.16 1.8 41 36 33 355 11 26 10.6 7.7 116 0.01
KL44-09 710.5 713.2 0.56 5600 0.08 1 103 54 8 86 1 16 0.4 8.3 138 0.01
KL44-09 713.2 716.3 0.6 6000 0.3 2.7 54 11 2 27 1 43 0.01 8.8 30 0.01
KL44-09 716.3 719.4 0.418 4180 0.2 1.2 58 11 2 30 2 52 0.2 12.5 39 0.01
KL44-09 719.4 722 0.68 6800 0.38 1.8 88 9 3 7 1 50 0.01 7.0 23 0.01
KL44-09 722 725.1 0.66 6600 0.34 2.1 93 8 3 17 1 60 0.2 8.0 20 0.01
KL44-09 725.1 728.2 0.66 6600 0.36 2 87 9 2 7 1 48 0.2 6.8 23 0.01
KL44-09 728.2 731.3 0.187 1870 0.16 0.7 61 27 10 6 1 35 0.6 8.5 35 0.01
KL44-09 731.3 734.4 2.79 27900 0.28 4.5 138 760 30 2100 6 33 0.3 25.5 111 0.01
KL44-09 734.4 737.5 0.05 500 0.04 0.1 53 10 1 4 1 23 0.2 4.8 36 0.01
KL44-09 737.5 740.5 0.112 1120 0.06 0.1 48 11 0.01 6 1 35 0.2 13.0 52 0.01
KL44-09 740.5 743.5 0.76 7600 0.37 1 71 9 3 6 0.01 24 0.2 10.5 25 0.01



Appendix V - 420 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-09 743.5 746.5 0.81 8100 0.51 1.4 161 21 18 48 0.01 34 3.7 10.3 22 0.01
KL44-09 746.5 749.5 1.15 11500 0.63 2 68 10 0.01 16 1 39 0.2 15.5 32 0.01
KL44-09 749.5 752.5 0.54 5400 0.33 0.8 77 9 1 115 0.01 38 0.5 7.4 30 0.01
KL44-09 752.5 755.5 0.174 1740 0.14 0.7 121 9 1 5 0.01 46 2.5 3.8 23 0.01
KL44-09 755.5 758.5 0.254 2540 0.06 0.7 12 10 2 464 0.01 24 0.3 8.7 101 0.01
KL44-09 758.5 761.5 1.27 12700 0.98 2.1 168 15 1 50 2 53 0.5 12.5 17 0.01
KL44-09 761.5 764.5 0.95 9500 0.57 1.7 99 14 3 19 0.01 22 0.2 16.5 21 0.01
KL44-09 764.5 767.5 0.439 4390 0.28 0.9 98 11 4 12 1 31 0.2 20.5 17 0.01
KL44-09 767.5 770.5 0.061 610 0.01 0.1 21 11 1 30 0.01 2 0.4 3.8 49 0.01
KL44-09 770.5 773.5 0.22 2200 0.14 0.8 69 12 6 26 0.01 15 0.3 6.5 43 0.01
KL44-09 773.5 776.5 1.22 12200 0.96 2.5 115 14 17 14 0.01 35 1.4 12.5 27 0.01
KL44-09 776.5 779.5 0.8 8000 0.44 2.1 45 8 2 71 0.01 22 0.2 11.8 25 0.01
KL44-09 779.5 782.5 1.35 13500 0.84 2.6 140 14 14 37 0.01 35 0.5 13.3 31 0.01
KL44-09 782.5 785.5 0.75 7500 0.29 1.4 98 30 10 108 0.01 14 0.2 9.8 20 0.01
KL44-09 785.5 788.5 0.53 5300 0.09 0.1 16 8 7 412 0.01 28 0.5 8.8 58 0.01
KL44-09 788.5 791.5 0.83 8300 0.36 1.3 82 13 5 136 0.01 18 0.3 9.5 32 0.01
KL44-09 791.5 794.5 0.88 8800 0.61 1.1 70 9 6 156 0.01 19 0.4 9.2 29 0.01
KL44-09 794.5 797.5 0.54 5400 0.33 1.1 69 27 10 8 0.01 10 0.7 6.5 25 0.01
KL44-09 797.5 800.5
KL44-09 800.5 803.5 0.92 9200 0.76 1.7 70 8 12 27 0.01 14 0.4 9.8 28 0.01
KL44-09 803.5 806.5 0.59 5900 0.33 0.8 48 8 15 35 0.01 9 0.3 9.0 15 0.01
KL44-09 806.5 809.5 0.61 6100 0.39 0.9 93 18 5 8 0.01 16 1.6 5.1 30 0.01
KL44-09 809.5 812.5 1.52 15200 1.11 2.6 294 13 1 10 0.01 58 0.01 7.5 23 0.01
KL44-09 812.5 815.5 0.6 6000 0.25 0.7 53 7 8 362 0.01 27 0.5 8.4 43 0.01
KL44-09 815.5 818.5 0.337 3370 0.23 0.1 64 9 9 11 0.01 16 10.3 2.5 34 0.01
KL44-09 818.5 821.5
KL44-09 821.5 824.5 0.75 7500 0.39 1.1 84 13 4 217 0.01 25 0.3 7.8 43 0.01
KL44-09 824.5 827.5 0.478 4780 0.21 1.5 53 7 1 33 1 19 0.01 8.5 47 0.01
KL44-09 827.5 830.5 1.14 11400 1.11 1.4 113 10 1 28 0.01 32 0.3 10.0 42 0.01
KL44-09 830.5 833.5 0.92 9200 0.6 1.1 122 7 4 9 0.01 22 0.01 6.0 39 0.01
KL44-09 833.5 836.5 0.386 3860 0.28 0.1 68 9 1 8 0.01 16 0.2 2.8 30 0.01
KL44-09 836.5 839.5 0.327 3270 0.27 0.1 58 7 1 2 0.01 17 0.01 3.3 31 0.01
KL44-09 839.5 842.5 0.152 1520 0.06 0.1 27 6 1 14 0.01 4 0.2 1.5 16 0.01
KL44-09 842.5 845.5 0.102 1020 0.04 0.5 35 9 1 193 1 8 0.01 3.5 19 0.01
KL44-09 845.5 848.5 0.372 3720 0.18 0.9 112 7 0.01 64 1 12 0.2 2.8 28 0.01
KL44-09 848.5 851.5 0.66 6600 0.35 2 220 9 6 18 1 29 0.2 5.0 40 0.01
KL44-09 851.5 854.5 0.269 2690 0.11 1 116 17 17 24 1 11 0.6 9.5 45 0.01
KL44-09 854.5 857.5 0.0016 16 0.01 0.1 22 17 11 4 0.01 2 0.3 1.3 27 0.01
KL44-09 857.5 860.5 0.146 1460 0.08 1 131 12 1 4 0.01 4 0.2 2.3 29 0.01
KL44-09 860.5 863.5 0.043 430 0.01 0.1 53 13 2 4 0.01 3 0.01 1.3 18 0.01
KL44-09 863.5 866.5 0.0223 223 0.01 0.1 29 9 0.01 5 0.01 1 0.01 1.3 17 0.01
KL44-09 866.5 869.5 0.0174 174 0.01 0.1 28 12 0.01 6 0.01 1 0.01 1.3 28 0.01
KL44-09 869.5 872.5 0.043 430 0.01 0.1 57 13 2 8 0.01 2 0.01 1.7 17 0.01
KL44-09 872.5 875.5 0.512 5120 0.19 1.8 460 15 3 6 0.01 19 0.01 4.5 26 0.01
KL44-09 875.5 878.5 1.3 13000 0.39 3.1 262 9 4 29 1 19 0.2 8.5 26 0.01
KL44-09 878.5 881.5 0.336 3360 0.11 1.3 271 11 6 8 1 10 0.6 2.8 46 0.01
KL44-09 881.5 884.5 0.511 5110 0.17 3.5 460 9 0.01 3 2 21 0.01 5.0 58 0.01
KL44-09 884.5 887.5 0.61 6100 0.31 2.2 305 10 3 3 1 15 0.01 3.5 38 0.01
KL44-09 887.5 890.5 0.84 8400 0.53 1.8 200 6 2 8 1 18 0.01 5.0 44 0.01
KL44-09 890.5 893.5 0.462 4620 0.2 0.8 81 6 0.01 27 1 14 0.2 3.9 45 0.01
KL44-09 893.5 896.5 0.056 560 0.02 0.1 30 7 2 9 0.01 3 0.2 1.9 35 0.01
KL44-09 896.5 899.2 0.169 1690 0.03 0.8 51 8 1 21 7 6 0.3 2.8 73 0.01
KL44-09 899.2 901 0.11 1100 0.02 0.1 49 14 1 158 1 5 0.2 2.7 152 0.01
KL44-09 901 904 0.77 7700 0.43 0.6 70 7 13 10 0.01 15 0.3 4.4 20 0.01
KL44-09 904 906.8 0.21 2100 0.42 0.1 33 6 8 25 1 7 0.2 7.3 33 0.01
KL44-09 906.8 909.3 0.151 1510 0.04 1.3 208 74 8 30 1 6 3.7 2.5 27 0.01
KL44-09 909.3 911.5 0.11 1100 0.05 13.4 326 1100 38 105 1 7 130 3.0 211 0.12
KL44-09 911.5 914.5 0.156 1560 0.02 1 71 31 3 54 1 4 0.5 5.8 46 0.01
KL44-09 914.5 917.5 0.49 4900 0.16 0.9 16 7 6 420 0.01 25 0.01 5.8 46 0.01
KL44-09 917.5 920.5 0.112 1120 0.01 0.7 35 12 1 61 1 4 0.2 2.3 126 0.01
KL44-09 920.5 923.6 0.094 940 0.01 0.6 31 13 2 116 1 5 0.01 2.5 126 0.01
KL44-09 923.6 926.5 0.066 660 0.01 0.1 39 9 12 59 1 4 0.2 4.4 227 0.01
KL44-09 926.5 929.5 0.197 1970 0.02 1 185 53 30 72 1 6 11.8 4.0 110 0.01



Appendix V - 421 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-09 929.5 932.5 0.152 1520 0.02 0.9 59 21 10 183 2 4 12.2 2.8 141 0.01
KL44-10 0 3.1 0.0082 82 0.01 1 74 66 11 3 0.01 1 1.6 1.0 17 0.01
KL44-10 3.1 6.1 0.0059 59 0.01 0.6 42 28 9 3 0.01 2 0.9 1.1 21 0.01
KL44-10 6.1 9.4 0.0038 38 0.02 0.8 620 166 34 21 1 2 2.7 2.1 28 0.01
KL44-10 9.4 12.7 0.0029 29 0.01 7.6 410 268 7 1 0.01 1 6.5 3.5 26 0.01
KL44-10 12.7 15.7 0.0028 28 0.09 0.1 73 52 20 2 0.01 2 1.4 0.6 61 0.15
KL44-10 15.7 18.7 0.0017 17 0.01 1 109 154 13 1 0.01 2 1.3 1.0 60 0.01
KL44-10 18.7 21.8 0.0015 15 0.01 5.2 990 358 12 1 0.01 1 2.1 1.8 23 0.01
KL44-10 21.8 24.8 0.0012 12 0.01 1.6 139 87 18 4 0.01 2 0.8 2.3 15 0.01
KL44-10 24.8 28.2 0.0019 19 0.01 1.2 43 34 15 5 0.01 2 0.6 1.2 86 0.01
KL44-10 28.2 31.2 0.0016 16 0.01 1.3 193 77 15 4 0.01 1 1.3 1.6 31 0.01
KL44-10 31.2 34.3 0.002 20 0.01 0.1 39 29 5 1 0.01 3 0.4 1.0 13 0.01
KL44-10 34.3 37.3 0.0055 55 0.01 1.3 92 55 12 2 0.01 2 0.6 1.3 21 0.01
KL44-10 37.3 40.6 0.0025 25 0.06 1.5 590 409 45 12 0.01 1 3.8 1.8 32 0.13
KL44-10 40.6 44 0.0189 189 0.25 53 24100 15400 130 4 0.01 2 40 260.0 31 5.08
KL44-10 44 47 0.0031 31 0.04 11.8 400 1210 18 3 0.01 2 6 4.9 21 0.12
KL44-10 47 50 0.0014 14 0.04 4.5 88 106 17 2 0.01 1 0.8 1.0 21 0.01
KL44-10 50 53 0.0019 19 0.01 2.8 137 117 8 3 0.01 1 0.5 2.0 23 0.01
KL44-10 53 56 0.0031 31 0.01 1.1 29 32 7 2 0.01 1 0.6 2.9 21 0.12
KL44-10 56 59 0.0016 16 0.08 0.8 159 114 12 2 0.01 1 3.5 2.4 13 0.49
KL44-10 59 62 0.0024 24 0.1 0.8 520 63 22 4 0.01 1 3.1 3.0 15 0.5
KL44-10 62 65 0.0066 66 0.01 0.1 69 27 13 3 0.01 1 0.9 1.6 16 0.12
KL44-10 65 68 0.0032 32 0.01 0.1 56 32 7 5 0.01 1 0.9 1.4 14 0.1
KL44-10 68 71 0.0035 35 0.01 0.1 55 24 8 3 0.01 2 0.8 1.7 14 0.1
KL44-10 71 74 0.0009 9 0.01 0.1 46 34 12 3 0.01 2 0.8 1.3 18 0.01
KL44-10 74 77 0.0018 18 0.02 0.1 29 21 8 4 0.01 3 0.9 1.7 18 0.01
KL44-10 77 80 0.0017 17 0.01 0.1 85 36 14 3 0.01 2 1.1 2.8 23 0.01
KL44-10 80 83 0.015 150 0.16 6.7 4710 4550 160 2 0.01 3 19.8 4.1 18 1.13
KL44-10 83 86 0.0012 12 0.18 1.2 108 57 26 3 0.01 1 9.1 1.4 12 0.4
KL44-10 86 89 0.0011 11 0.06 0.1 25 25 27 3 0.01 3 1.1 0.5 13 0.01
KL44-10 89 92 0.0018 18 0.06 0.1 101 132 17 2 0.01 1 2.3 1.1 11 0.11
KL44-10 92 95 0.0013 13 0.02 0.1 120 97 26 2 0.01 2 3.1 0.9 12 0.1
KL44-10 95 98 0.0017 17 0.03 0.6 208 157 24 4 0.01 1 5.6 1.1 14 0.12
KL44-10 98 101.5 0.0013 13 0.06 0.1 780 247 72 3 0.01 3 20 1.4 22 0.38
KL44-10 101.5 104 0.0016 16 0.24 1.7 2350 292 69 3 1 2 30 2.0 19 4.08
KL44-10 104 107 0.0015 15 0.01 1.5 400 680 48 5 4 3 2.5 6.8 38 0.01
KL44-10 107 110 0.0038 38 0.01 0.1 180 65 45 8 1 2 1.9 1.5 22 0.01
KL44-10 110 113 0.0015 15 0.01 0.1 79 85 12 4 1 1 0.7 0.7 16 0.01
KL44-10 113 116 0.0027 27 0.01 0.1 190 48 8 3 1 1 0.3 0.0 18 0.01
KL44-10 116 119 0.0029 29 0.01 0.1 152 86 17 13 1 1 1.7 0.8 24 0.01
KL44-10 119 122 0.0037 37 0.04 0.6 510 144 47 6 3 2 4.2 1.9 17 0.18
KL44-10 122 124.7 0.0093 93 0.08 1.3 680 229 89 3 2 2 9.7 2.5 25 0.56
KL44-10 124.7 128 0.0039 39 0.12 0.7 350 82 46 6 1 3 6.7 2.8 69 0.01
KL44-10 128 131 0.0031 31 0.07 0.8 335 95 49 10 0.01 3 4.3 2.0 65 0.01
KL44-10 131 134 0.0014 14 0.03 0.5 93 34 44 20 0.01 1 2.6 0.5 170 0.01
KL44-10 134 136.2 0.0036 36 0.46 1 202 81 97 31 1 3 5 7.3 137 0.16
KL44-10 136.2 139.4 0.052 520 0.44 2.9 2320 176 300 86 2 5 7.9 5.3 106 0.44
KL44-10 139.4 141.4 1.55 15500 2.74 282 14300 13500 5900 38 109 20 508 33.3 117 21.2
KL44-10 141.4 143.2 0.67 6700 0.37 85 1040 5500 2600 48 48 3 166 7.2 227 4.57
KL44-10 143.2 146
KL44-10 146 149
KL44-10 149 152
KL44-10 152 155
KL44-10 155 160
KL44-10 160 163
KL44-10 163 165.8
KL44-10 165.8 170
KL44-10 170 173
KL44-10 173 176
KL44-10 176 179
KL44-10 179 182
KL44-10 182 185
KL44-10 185 187.2



Appendix V - 422 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-10 187.2 191
KL44-10 191 194
KL44-10 194 197
KL44-10 206 208.5
KL44-10 208.5 211.7
KL44-10 237.16 240.2
KL44-10 288 293
KL44-10 293 295.7 0.0021 21 0.01 0.7 299 75 12 15 6 1 1.1 1.1 23 0.01
KL44-10 295.7 299 0.0036 36 0.01 1.7 315 146 15 69 10 1 1.5 2.8 20 0.01
KL44-10 299 302 0.0019 19 0.01 1.5 182 116 7 11 6 1 0.6 1.5 12 0.01
KL44-10 302 305 0.0022 22 0.01 4.9 1360 1100 11 5 6 1 4 22.2 14 0.34
KL44-10 305 307.9 0.0043 43 0.01 0.8 680 143 13 13 6 1 1.3 3.0 13 0.01
KL44-10 307.9 310.7 0.001 10 0.01 0.5 212 121 4 44 2 2 0.4 1.5 12 0.01
KL44-10 310.7 313.8 0.0048 48 0.01 0.7 680 500 10 25 3 1 0.7 2.8 10 0.01
KL44-10 313.8 316.9 0.0061 61 0.01 0.6 620 241 16 26 2 1 0.7 2.4 13 0.01
KL44-10 316.9 320.6 0.0014 14 0.01 0.5 720 317 13 8 1 3 1.3 3.8 16 0.12
KL44-10 320.6 323 0.0014 14 0.02 1.1 290 240 14 19 0.01 2 1.6 2.5 14 0.01
KL44-10 323 326 0.0072 72 0.02 0.9 600 215 15 11 3 2 1.6 1.5 10 0.01
KL44-10 326 329 0.0011 11 0.01 0.6 401 198 11 6 0.01 1 1.4 1.5 8 0.01
KL44-10 329 332 0.0013 13 0.01 0.7 409 392 5 10 0.01 1 0.5 4.5 9 0.01
KL44-10 332 335 0.0216 216 0.18 23.9 14500 28200 58 7 28 1 25 270.0 16 0.01
KL44-10 335 338 0.0197 197 0.25 3.8 3950 1590 78 38 14 2 7.8 19.0 22 0.23
KL44-10 338 341 0.035 350 2.45 4.4 16800 1720 570 48 4 3 44 14.8 47 2.94
KL44-10 341 344 0.0193 193 2.16 3.6 5260 1030 110 8 3 3 20 7.3 23 0.96
KL44-10 344 347 0.0066 66 0.34 2.5 2630 700 51 4 2 1 5.2 5.8 16 0.46
KL44-10 347 350 0.0045 45 0.3 1.5 2040 710 42 6 2 1 3.8 3.8 14 0.31
KL44-10 350 353 0.0061 61 0.28 4.8 3500 1530 43 14 15 1 5 13.1 12 0.49
KL44-10 353 356 0.0014 14 0.06 0.1 1000 140 16 11 3 1 1.6 3.3 12 0.11
KL44-10 356 359 0.0038 38 0.04 0.8 1120 550 7 8 1 1 3.2 3.0 12 0.13
KL44-10 359 362 0.0044 44 0.03 0.8 1370 740 18 4 1 1 4 5.3 11 0.22
KL44-10 362 365 0.004 40 0.06 1.1 1440 540 23 3 1 1 4.7 3.8 13 0.24
KL44-10 365 368 0.0056 56 1.59 2.2 2800 990 220 3 1 1 21 9.0 16 0.92
KL44-10 368 371 0.0025 25 0.2 0.8 930 337 31 5 2 1 3.3 4.8 11 0.2
KL44-10 371 374 0.0065 65 0.09 0.7 1040 354 19 28 1 3 3.9 6.0 18 0.13
KL44-10 374 377 0.0014 14 0.03 0.1 410 183 20 11 0.01 1 1.6 5.4 10 0.01
KL44-10 377 380 0.0203 203 0.04 0.6 750 398 32 10 1 3 3.3 4.5 22 0.13
KL44-10 380 383 0.0032 32 0.01 0.5 810 272 12 11 1 1 1.8 3.8 6 0.01
KL44-10 383 386 0.0022 22 0.01 0.7 590 480 10 17 3 2 1 4.5 11 0.01
KL44-10 386 389 0.0156 156 0.08 0.8 1320 1040 100 339 6 1 7.8 12.2 26 0.41
KL44-10 389 392 0.106 1060 0.16 1.4 2140 70 34 62 8 6 1.5 8.3 23 0.01
KL44-10 392 395 0.48 4800 0.37 3.4 21400 890 310 11 6 62 14 28.5 36 0.29
KL44-10 395 398 0.048 480 0.12 0.7 1810 73 110 105 8 13 3.1 3.5 55 0.01
KL44-10 398 401 0.0028 28 0.16 0.5 980 339 33 940 1 3 3.9 2.3 78 0.11
KL44-10 401 404 0.253 2530 0.15 3.1 83 82 13 148 4 5 5.2 4.8 36 0.01
KL44-10 404 407 0.0076 76 0.02 0.1 393 163 22 490 3 1 1.7 4.9 18 0.01
KL44-10 407 410 0.0365 365 0.05 0.8 430 186 43 167 1 3 2.5 5.3 82 0.01
KL44-10 410 413 0.103 1030 0.08 1 286 52 14 365 1 7 0.8 3.3 23 0.01
KL44-10 413 416 0.109 1090 0.13 1.2 780 22 13 29 0.01 3 0.4 2.3 20 0.01
KL44-10 416 419 0.5 5000 0.67 5.4 840 16 15 9 5 29 0.7 13.7 48 0.01
KL44-10 419 422 0.242 2420 0.98 3.1 650 44 16 61 7 14 1 14.4 19 0.01
KL44-10 422 425 0.72 7200 1.28 8.9 1520 25 13 36 5 20 0.7 6.8 18 0.01
KL44-10 425 428 0.204 2040 0.22 1.6 370 21 17 14 1 5 0.9 2.4 23 0.01
KL44-10 428 431 0.161 1610 0.22 1.9 166 39 7 364 1 5 0.8 2.5 27 0.01
KL44-10 431 434 0.35 3500 0.44 3.1 357 54 8 99 1 4 0.9 4.3 27 0.01
KL44-10 434 437 0.526 5260 0.89 4 930 92 16 5 2 9 0.8 9.8 53 0.01
KL44-10 437 440 0.24 2400 0.18 1.6 310 128 15 7 2 4 1.4 4.8 33 0.01
KL44-10 440 443 0.23 2300 0.19 1.8 236 57 15 13 4 17 1 9.3 21 0.01
KL44-10 443 446.8 0.475 4750 0.34 2.9 590 25 10 340 1 14 0.5 7.3 32 0.01
KL44-10 446.8 448.1 0.408 4080 0.26 100 370 45 20 709 1 11 1.1 5.0 70 0.01
KL44-10 448.1 450.8 0.24 2400 0.18 1.8 660 110 49 17 3 5 3.1 5.8 35 0.11
KL44-10 450.8 453.9 0.59 5900 0.52 2.7 670 190 200 43 2 12 28 7.3 40 0.24
KL44-10 453.9 457 0.528 5280 0.41 1 210 72 28 22 1 8 6.3 10.8 21 0.01
KL44-10 457 460 0.052 520 0.05 0.8 1000 680 23 284 0.01 5 4.8 4.0 34 0.01



Appendix V - 423 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-10 460 462.5 1.54 15400 0.93 2.4 330 78 22 9 0.01 17 3.9 15.5 29 0.01
KL44-10 462.5 464 0.134 1340 0.11 2.3 27900 218 42 10 11 81 2.9 27.0 32 0.01
KL44-10 464 467 0.1 1000 0.06 3.5 2810 930 40 7 12 7 2.1 9.5 39 0.01
KL44-10 467 470 0.102 1020 0.15 2.2 510 301 61 1370 14 3 1.2 29.0 89 0.01
KL44-10 470 473 0.78 7800 0.99 3.6 690 169 28 235 4 20 3.6 23.5 35 0.01
KL44-10 473 476 0.93 9300 0.36 6.7 870 148 75 5 1 20 6.8 18.3 30 0.01
KL44-10 476 479 0.305 3050 0.21 3.4 730 261 40 5 2 9 3.8 12.0 46 0.01
KL44-10 479 482 0.33 3300 0.18 3.9 393 240 51 6 2 12 10.4 10.0 20 0.01
KL44-10 482 485 0.56 5600 0.33 6.1 460 110 42 2 1 23 2.5 9.0 27 0.01
KL44-10 485 488 0.149 1490 0.12 2 218 190 23 24 1 7 2.5 5.3 30 0.01
KL44-10 488 491 0.128 1280 0.17 3.2 9930 261 27 4 10 4 1 13.3 28 0.01
KL44-10 491 494 0.058 580 0.09 1.5 1250 122 21 4 3 3 1.1 5.0 33 0.01
KL44-10 494 497 0.9 9000 0.53 9.4 22400 162 41 3 70 4 2.2 116.0 95 0.01
KL44-10 497 500 1.9 19000 1.74 18 8160 163 34 13 56 25 1.8 56.0 47 0.01
KL44-10 500 503 2.2 22000 2.02 12.5 258 74 36 3 38 24 0.4 46.5 55 0.01
KL44-10 503 506 1.69 16900 1.34 8.5 162 32 19 2 38 14 0.7 43.0 90 0.01
KL44-10 506 509 1 10000 0.88 4.9 81 20 11 2 26 18 0.9 31.5 90 0.01
KL44-10 509 512 1.76 17600 1.61 8.3 275 91 14 5 8 14 2.6 22.0 66 0.01
KL44-10 512 514.2 1.55 15500 1.51 7.5 371 135 21 10 28 30 2.2 42.0 27 0.01
KL44-10 514.2 516.8 2.68 26800 1.44 9.3 113 29 11 4 21 28 0.8 33.6 32 0.01
KL44-10 516.8 519.5 1.42 14200 1.36 8.5 298 205 9 5 16 24 3.1 34.0 39 0.01
KL44-10 519.5 523.1 2.89 28900 1.33 9.5 540 48 5 8 34 25 1.5 15.5 68 0.01
KL44-10 523.1 526.2 4.25 42500 1.3 20.2 1730 580 41 4 5 30 16 36.3 84 0.3
KL44-10 526.2 527 4.08 40800 1.4 10.4 710 16 18 5 5 53 1 33.8 51 0.01
KL44-10 527 530 3.01 30100 1.4 20.3 810 15 19 1 15 97 0.5 41.3 43 0.01
KL44-10 530 531.3 3.69 36900 0.68 31 162 19 4 36 5 19 0.8 40.0 217 0.01
KL44-10 531.3 532.7 0.83 8300 0.55 14.3 500 820 32 22 4 14 40 17.0 57 0.01
KL44-10 532.7 534.2 0.59 5900 0.24 5.9 137 64 12 193 5 17 6.3 11.5 96 0.01
KL44-10 534.2 537 1.54 15400 0.64 9.6 55 31 39 40 36 15 1.8 36.0 98 0.01
KL44-10 537 540 1.13 11300 0.38 3.7 96 52 66 71 5 18 3.2 42.0 156 0.01
KL44-10 540 543 0.83 8300 0.32 4.2 470 190 65 47 6 18 4.4 32.0 110 0.01
KL44-10 543 544 0.66 6600 0.2 2.7 286 123 28 18 7 8 3.9 14.5 79 0.01
KL44-10 544 546.2 0.79 7900 0.24 12.8 1050 620 83 27 3 8 24 14.5 92 0.17
KL44-10 546.2 547.8 0.77 7700 0.43 24.3 3430 3500 130 8 5 12 28 23.2 128 0.44
KL44-10 547.8 550.4 0.521 5210 0.43 8.1 1160 540 100 10 43 11 14 10.5 59 0.14
KL44-10 550.4 552.8 0.432 4320 0.34 5 152 66 25 38 22 10 5 11.7 175 0.01
KL44-10 552.8 556.3 0.55 5500 0.56 6.6 52 25 9 4 17 11 1.3 7.8 88 0.01
KL44-10 556.3 559.3 0.66 6600 0.54 5.7 62 30 14 6 16 13 1.8 13.7 150 0.01
KL44-10 559.3 563 1.02 10200 0.32 12.3 156 105 50 4 19 11 9.9 17.5 101 0.01
KL44-10 563 566 0.61 6100 0.33 6.2 56 32 20 6 8 12 2.1 10.8 105 0.01
KL44-10 566 569 0.55 5500 0.44 6.6 92 55 20 42 26 10 1.9 11.5 97 0.01
KL44-10 569 572
KL44-10 572 575 0.524 5240 0.37 4.8 2100 32 24 10 8 11 1 12.8 99 0.01
KL44-10 575 578 0.33 3300 0.36 3.1 124 62 38 6 14 13 3.7 14.0 112 0.01
KL44-10 578 581 0.396 3960 0.34 8.5 960 750 28 10 26 9 4.1 9.5 80 0.01
KL44-10 581 584 0.31 3100 0.16 2.9 123 88 13 4 16 10 1.3 10.0 101 0.01
KL44-10 584 587 0.237 2370 0.2 1.5 61 33 14 8 21 9 1.4 8.0 86 0.01
KL44-10 587 590 0.22 2200 0.15 1.1 157 158 5 4 3 8 0.7 7.5 86 0.01
KL44-10 590 593 0.21 2100 0.07 1.1 97 38 5 40 3 8 0.8 5.9 77 0.01
KL44-10 593 596 0.64 6400 0.4 18.7 1880 2090 23 8 7 13 4.6 9.5 81 0.13
KL44-10 596 598.1 0.442 4420 0.13 1.9 120 92 5 6 5 11 0.6 12.8 78 0.01
KL44-10 598.1 601.2 0.215 2150 0.11 3.7 2370 1880 12 7 3 9 2.1 6.3 69 0.14
KL44-10 601.2 604.3 0.182 1820 0.12 5 870 590 19 6 16 7 1.9 6.0 94 0.01
KL44-10 604.3 607.4 0.225 2250 0.19 6.8 190 235 32 4 16 10 15.7 11.0 79 0.01
KL44-10 607.4 610.5 0.225 2250 0.19 6.4 182 265 16 12 8 11 4 6.9 74 0.01
KL44-10 610.5 613.6 0.396 3960 0.28 2.8 126 33 14 7 2 13 1.6 6.3 107 0.01
KL44-10 613.6 616.7 1.12 11200 0.68 17.5 173 54 19 6 214 13 9 13.5 85 0.4
KL44-10 616.7 619.8 0.71 7100 3.67 4.2 2370 137 5 8 7 11 1.2 5.8 67 0.67
KL44-10 619.8 623.4 1.05 10500 0.5 5.4 64 24 54 4 6 10 20 16.5 69 0.2
KL44-10 623.4 626 0.73 7300 0.23 5.3 235 98 36 3 11 5 30 14.8 191 0.25
KL44-10 626 629 0.24 2400 0.15 2.3 106 88 29 13 6 7 10.3 12.8 36 0.12
KL44-10 629 632 0.183 1830 0.16 1.8 292 80 26 35 5 6 8.3 7.5 44 0.16
KL44-10 632 635 0.065 650 0.09 2.2 116 56 24 175 4 7 3.1 5.8 231 0.13



Appendix V - 424 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL44-10 635 638 0.204 2040 0.15 3.1 121 68 14 13 6 4 3.8 4.3 243 0.16
KL44-10 638 641 0.69 6900 0.28 3.6 64 50 8 9 5 5 2.6 3.8 224 0.01
KL44-10 641 644 0.496 4960 0.29 2.6 192 81 17 8 3 6 4.8 5.5 183 0.01
KL44-10 644 647 0.28 2800 0.1 2 198 72 12 24 3 6 3.2 5.4 234 0.18
KL44-10 647 650 0.388 3880 0.3 2.1 135 69 14 54 4 10 1.9 10.0 40 0.1
KL44-10 650 652.5 0.147 1470 0.11 1.3 139 62 8 77 2 4 2.2 4.0 229 0.1
KL44-10 652.5 655.6 0.115 1150 0.07 1 132 58 6 68 2 5 1.5 4.5 200 0.1
KL44-10 655.6 657.3 0.372 3720 0.11 7.3 372 175 12 43 21 5 5.4 3.3 228 0.17
KL44-10 657.3 660 0.085 850 0.08 2.2 331 335 8 293 5 7 3.3 8.8 215 0.01
KL44-10 660 662.5 0.24 2400 0.12 3.6 112 64 11 103 3 6 8.6 3.8 185 0.11
KL44-10 662.5 664.4 0.325 3250 0.16 5.4 123 91 76 105 5 3 11.4 3.3 226 0.24
KL44-10 664.4 668 0.275 2750 0.15 3.6 200 117 10 105 7 5 5.6 4.0 180 0.12
KL44-10 668 670 0.23 2300 0.19 1.4 187 53 23 870 6 7 1 9.7 34 0.01
KL44-10 670 673.4 0.24 2400 0.1 2.2 227 138 4 41 2 5 4.4 4.4 120 0.01
KL44-10 673.4 676.3 0.165 1650 0.08 2.1 50 68 18 53 3 8 8.4 6.3 229 0.01
KL44-10 676.3 679.4 0.31 3100 0.1 1.9 217 166 4 33 2 5 5.2 5.5 238 0.14
KL44-10 679.4 682.6 0.176 1760 0.09 3.6 940 430 6 35 3 5 5.8 6.5 204 0.16
KL44-10 682.6 684 0.145 1450 0.26 7.7 4530 1380 16 64 13 15 17.6 10.5 131 0.53
KL44-10 684 687 0.75 7500 0.54 18.7 1200 530 47 24 22 6 17.3 7.9 265 0.68
KL44-10 687 689.6 0.503 5030 3.23 26.1 500 850 55 41 26 7 48 7.2 111 0.61
KL44-10 689.6 692.6 0.124 1240 0.15 4.1 410 275 16 30 6 6 16 9.0 128 0.18
KL44-10 692.6 695 0.065 650 0.04 1.9 108 112 12 18 4 7 13.3 5.8 190 0.01
KL44-10 695 698 0.084 840 0.07 1.8 173 102 7 35 1 4 4.1 3.1 177 0.01
KL44-10 729 733.6
KL44-10 733.6 824
KL46-01 0 3 0.0028 28 0.01 0.1 32 12 6 2 0.01 1 0.8 1.2 30 0.01
KL46-01 3 6 0.0168 168 0.3 1.7 349 221 28 5 1 2 3.9 16.3 41 0.54
KL46-01 6 9 0.0009 9 0.01 0.1 39 19 7 3 0.01 1 0.6 1.4 18 0.01
KL46-01 9 12 0.003 30 0.06 0.1 75 60 11 4 2 1 0.4 1.0 23 0.01
KL46-01 12 15 0.017 170 0.01 0.7 450 90 15 1 4 2 0.9 2.0 12 0.01
KL46-01 15 18 0.0012 12 0.01 0.1 98 21 17 3 1 1 1.2 1.5 20 0.01
KL46-01 18 21 0.002 20 0.12 0.1 98 38 17 3 0.01 1 0.8 1.6 17 0.01
KL46-01 21 23.1 0.001 10 0.06 0.1 32 18 14 2 0.01 1 1.1 1.7 13 0.12
KL46-01 23.1 26.2 0.0005 5 0.01 0.1 28 13 8 1 0.01 1 0.6 1.1 18 0.01
KL46-01 26.2 29.3 0.0005 5 0.01 0.1 36 12 7 1 0.01 1 0.3 1.0 18 0.01
KL46-01 29.3 32.4 0.0025 25 0.01 0.1 25 13 6 1 0.01 1 0.5 1.7 23 0.01
KL46-01 32.4 35.5 0.001 10 0.01 0.1 44 13 7 1 0.01 1 0.4 0.7 20 0.01
KL46-01 35.5 37.2 0.0009 9 0.01 0.1 69 22 16 1 0.01 2 0.6 2.2 23 0.01
KL46-01 37.2 39 0.0068 68 0.01 0.1 65 18 11 1 0.01 1 0.4 1.1 22 0.01
KL46-01 39 42 0.0051 51 0.05 0.5 135 93 79 12 2 3 3.3 6.2 89 0.01
KL46-01 42 44.2 0.0013 13 0.03 0.1 68 32 20 3 0.01 2 0.7 2.3 23 0.01
KL46-01 44.2 46.1 0.0012 12 0.01 0.1 75 21 10 2 0.01 1 0.4 1.2 24 0.01
KL46-01 46.1 48 0.0009 9 0.01 0.1 56 20 10 1 0.01 1 0.6 1.2 25 0.01
KL46-01 48 51 0.0024 24 0.02 0.1 52 25 10 2 0.01 1 0.6 1.3 22 0.01
KL46-01 51 54 0.0008 8 0.01 0.1 34 24 5 1 0.01 1 2.1 1.9 18 0.01
KL46-01 54 57 0.0009 9 0.01 0.1 345 30 7 2 0.01 1 0.9 0.9 20 0.01
KL46-01 57 60 0.0008 8 0.01 0.1 49 35 7 2 0.01 1 0.6 1.4 25 0.01
KL46-01 60 63 0.0036 36 0.17 0.1 70 42 11 4 0.01 1 1 2.1 22 0.1
KL46-01 63 66 0.0008 8 0.01 0.1 80 19 7 2 0.01 1 0.5 1.2 26 0.01
KL46-01 66 69 0.0007 7 0.01 0.1 75 16 7 2 0.01 1 0.3 1.5 24 0.01
KL46-01 69 72 0.0013 13 0.01 0.1 46 14 9 3 0.01 1 0.5 2.5 27 0.01
KL46-01 72 75 0.0175 175 0.06 0.1 107 38 54 25 7 1 4.3 3.1 50 0.01
KL46-01 75 78 0.0011 11 0.01 0.1 50 18 9 3 0.01 1 0.6 1.9 40 0.01
KL46-01 78 81 0.0027 27 0.01 0.1 161 11 6 2 0.01 2 0.5 2.1 31 0.01
KL46-01 81 84 0.0026 26 0.07 0.1 216 20 11 3 1 2 1 1.8 33 0.01
KL46-01 84 86.4 0.0158 158 0.03 0.1 49 26 49 12 6 1 2.7 1.9 40 0.01
KL46-01 86.4 89.2 0.0012 12 0.01 0.1 55 70 7 4 2 2 0.3 2.0 38 0.01
KL46-01 89.2 92.2 0.0006 6 0.01 0.1 30 21 14 1 0.01 1 0.3 1.9 27 0.01
KL46-01 92.2 95.3 0.0011 11 0.01 0.5 139 131 14 1 1 1 1.1 4.0 78 0.01
KL46-01 95.3 96.9 0.331 3310 0.21 1.5 151 30 740 49 6 3 16.5 7.2 189 0.46
KL46-01 96.9 98.4 0.026 260 0.04 0.8 90 69 130 39 12 4 4.4 3.3 61 0.01
KL46-01 98.4 101.4 0.0059 59 0.05 0.9 289 530 160 22 3 3 4.7 15.7 81 0.01
KL46-01 101.4 103.2 0.0301 301 0.22 1.1 500 281 220 61 8 4 9.3 12.2 78 0.11



Appendix V - 425 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-01 103.2 105.5 0.0038 38 0.17 0.8 128 27 120 3 1 9 52 22.5 39 2.49
KL46-01 105.5 106.4 0.059 590 0.54 8.4 2760 2360 380 28 6 10 371 74.0 65 13.1
KL46-01 106.4 108.7 0.0213 213 0.39 4.9 1020 920 260 23 9 6 52 28.8 122 1.93
KL46-01 108.7 111 0.068 680 0.31 5.1 1760 510 360 41 19 5 38 18.0 255 1.52
KL46-01 111 114 0.255 2550 0.43 5.8 470 250 860 62 76 9 34 13.3 161 1.9
KL46-01 114 117 0.0027 27 0.27 0.6 151 58 150 22 1 3 3.8 1.8 81 0.31
KL46-01 117 120 0.003 30 0.25 0.1 105 26 120 8 1 3 2.3 1.3 71 0.27
KL46-01 120 123 0.0029 29 0.24 0.1 68 16 82 18 1 2 1.6 1.2 81 0.19
KL46-01 123 126 0.128 1280 0.34 2.5 110 70 450 57 66 4 7.7 5.5 81 0.61
KL46-01 126 128.1 0.079 790 0.14 1.1 77 30 320 20 18 3 7.4 3.2 70 0.46
KL46-01 128.1 130 0.168 1680 0.17 2.5 315 71 300 18 52 1 8.6 4.1 49 0.42
KL46-01 130 132 0.432 4320 0.22 7.6 238 67 830 63 56 3 43 8.8 38 1.48
KL46-01 132 135 0.0034 34 0.01 0.1 30 16 8 3 0.01 1 0.4 0.9 18 0.01
KL46-01 135 138 0.336 3360 0.19 2.9 147 90 290 90 110 4 22 8.3 57 0.11
KL46-01 138 141 0.314 3140 0.56 4.1 316 172 1040 381 110 9 42 14.7 141 0.18
KL46-01 141 144 0.0276 276 0.24 1 440 138 250 136 16 4 13.6 3.0 68 0.11
KL46-01 144 147 0.052 520 0.25 1.4 770 194 330 68 12 5 15.1 5.3 66 0.15
KL46-01 147 150.2 0.0172 172 1 3.4 215 136 420 282 38 6 24 7.7 140 0.37
KL46-01 150.2 152 0.0174 174 0.11 1.3 215 79 52 28 12 1 8.8 4.6 31 0.13
KL46-01 152 153.8 0.0084 84 0.17 2 840 354 47 11 10 1 19 4.8 38 0.1
KL46-01 153.8 155.8 0.0181 181 0.24 13.2 2000 2610 100 33 30 4 20 20.5 37 0.18
KL46-01 155.8 158.4 0.003 30 0.28 1.2 213 143 64 17 2 1 10.8 2.7 30 0.12
KL46-01 158.4 161.4 0.0051 51 0.08 0.7 235 136 26 12 2 2 22 2.2 18 0.01
KL46-01 161.4 164.6 0.0018 18 0.03 0.1 170 32 8 4 1 1 3.9 0.7 22 0.01
KL46-01 164.6 166.8 0.0017 17 0.02 0.1 185 43 10 4 0.01 1 2.9 0.8 20 0.01
KL46-01 166.8 168 0.0018 18 0.04 0.1 172 30 14 5 1 1 2.8 0.7 22 0.01
KL46-01 168 171 0.0013 13 0.07 0.1 290 146 21 6 1 1 3.9 1.6 23 0.01
KL46-01 171 173.8 0.0011 11 0.13 0.5 89 79 32 6 4 1 4.1 1.3 20 0.01
KL46-01 173.8 175.4 0.0005 5 0.03 0.1 21 21 9 3 0.01 1 1.2 0.8 19 0.01
KL46-01 175.4 177 0.0032 32 0.08 0.1 90 98 15 4 1 1 2.8 1.6 23 0.01
KL46-01 177 180 0.0016 16 0.08 0.1 327 257 10 4 0.01 1 2.3 2.1 23 0.01
KL46-01 180 182.6 0.0015 15 0.25 0.1 149 89 56 5 1 1 4.7 1.2 22 0.1
KL46-01 182.6 185.7 0.0025 25 1.14 1 306 104 110 13 5 1 8.8 2.9 32 0.26
KL46-01 185.7 187.9 0.0008 8 0.22 0.1 46 46 32 6 2 1 1.9 1.3 19 0.01
KL46-01 187.9 189.9 0.0006 6 0.06 0.1 38 37 12 3 1 1 0.8 0.6 22 0.01
KL46-01 189.9 192 0.0004 4 0.04 0.1 23 25 8 3 1 1 0.4 0.5 23 0.01
KL46-01 192 194.6 0.001 10 0.12 0.1 136 80 20 5 2 1 0.8 1.3 23 0.01
KL46-01 194.6 197.6 0.0008 8 0.06 0.1 71 89 13 6 2 1 0.6 2.6 24 0.01
KL46-01 197.6 200 0.0045 45 0.12 2.3 430 870 32 19 11 4 1.6 8.6 28 0.01
KL46-01 200 203.2 0.0122 122 0.04 1.3 840 520 31 21 6 3 1.2 4.9 15 0.01
KL46-01 203.2 204.5 0.0012 12 0.06 0.7 124 124 19 5 3 1 0.7 2.2 19 0.01
KL46-01 204.5 206.5 0.0024 24 0.11 1.2 104 100 130 6 2 1 3.9 1.8 25 0.12
KL46-01 206.5 209.6 0.0039 39 0.16 0.8 440 274 39 15 2 1 2.1 3.6 73 0.2
KL46-01 209.6 212.6 0.003 30 0.04 0.9 440 349 12 6 3 1 0.5 2.7 34 0.01
KL46-01 212.6 215 0.0017 17 0.04 0.5 103 140 14 7 2 1 1.6 1.5 27 0.01
KL46-01 215 217.7 0.0033 33 0.1 3.6 345 820 24 10 14 1 0.7 7.0 31 0.01
KL46-01 217.7 218.9 0.0037 37 0.05 0.6 197 154 15 23 2 2 0.8 1.8 23 0.01
KL46-01 218.9 221.3 0.0043 43 0.11 0.5 103 113 10 4 1 2 3.1 2.2 26 0.01
KL46-01 221.3 224.4 0.0035 35 0.05 1.8 1470 1020 7 9 7 3 1.1 5.4 12 0.01
KL46-01 224.4 227.5 0.056 560 0.06 3.2 3890 1530 74 20 16 3 2.5 10.8 27 0.1
KL46-01 227.5 230.5 0.0073 73 0.01 1 460 226 17 18 6 2 1.1 2.8 11 0.01
KL46-01 230.5 232.8 0.0012 12 0.01 0.1 27 14 13 4 0.01 3 0.4 0.8 20 0.01
KL46-01 232.8 235.4 0.0204 204 0.06 3.5 2100 860 31 20 20 2 1.2 6.2 26 0.01
KL46-01 235.4 238.4 0.01 100 0.02 3.9 1720 750 22 24 22 2 0.9 7.5 18 0.01
KL46-01 238.4 241.5 0.0082 82 0.01 0.1 69 190 77 2 1 3 2.1 7.6 33 0.1
KL46-01 241.5 243 0.003 30 0.01 1.1 470 172 12 9 12 3 0.8 3.1 14 0.01
KL46-01 243 245.8 0.0073 73 0.02 2 550 329 24 12 53 1 1.6 6.0 12 0.01
KL46-01 245.8 247.8 0.0024 24 0.03 0.6 296 170 25 6 4 1 0.7 1.9 12 0.01
KL46-01 247.8 250.9 0.007 70 0.01 1.9 500 238 12 11 39 1 0.7 2.5 12 0.01
KL46-01 250.9 254 0.0049 49 0.01 0.9 1450 590 8 7 4 1 0.6 3.3 14 0.01
KL46-01 254 257.1 0.0174 174 0.04 1.4 394 384 70 13 19 4 7.2 8.3 17 0.01
KL46-01 257.1 260.2 0.24 2400 0.41 45 10500 8000 760 130 147 1 130 72.0 22 0.16
KL46-01 260.2 263.3 0.0075 75 0.04 1.9 1700 610 19 8 14 1 2.7 6.4 17 0.01



Appendix V - 426 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-01 263.3 265.4 0.5 5000 0.28 12.6 1710 1080 1450 33 31 1 160 13.3 18 0.3
KL46-01 265.4 267.4 0.0026 26 0.03 0.1 238 65 18 4 1 1 1.3 2.4 15 0.01
KL46-01 267.4 268.7 0.0042 42 0.01 0.1 530 51 9 3 2 1 0.6 1.5 16 0.01
KL46-01 268.7 271.3 0.0076 76 0.06 0.1 830 192 51 4 2 1 2.3 3.4 11 0.01
KL46-01 271.3 273 0.0367 367 0.18 0.1 580 88 120 4 1 3 3.5 2.5 21 0.35
KL46-01 273 276 0.0125 125 0.18 1.3 2200 790 190 7 0.01 2 7.8 6.6 15 0.1
KL46-01 276 279 0.0266 266 0.07 0.5 460 110 110 8 1 6 2.8 5.1 16 0.01
KL46-01 279 282 0.0087 87 0.16 0.7 5400 760 150 10 1 3 13.1 5.3 16 0.12
KL46-01 282 285 0.198 1980 0.25 2.6 31600 2700 890 6 1 6 110 7.1 15 0.39
KL46-01 285 288 0.0082 82 0.18 1.7 9280 2300 130 3 1 3 12.6 3.6 16 0.19
KL46-01 288 291 0.0401 401 0.22 1.5 4050 790 230 34 10 5 11.7 15.9 25 0.18
KL46-01 291 294 0.046 460 0.09 0.8 930 134 90 21 6 4 3.5 7.0 21 0.1
KL46-01 294 297 0.0152 152 0.24 0.9 820 182 81 4 5 3 4.5 3.5 18 0.17
KL46-01 297 300 0.027 270 1.85 2.1 5440 287 260 5 8 10 13.6 9.5 32 0.73
KL46-01 300 303 0.0293 293 0.25 1.1 1590 229 110 6 18 5 10.2 6.1 21 0.35
KL46-01 303 306 0.0079 79 0.22 1.2 2600 950 65 7 3 3 4.2 3.5 24 0.14
KL46-01 306 309 0.052 520 0.27 3.7 7540 1560 120 9 44 1 7.2 29.2 20 0.54
KL46-01 309 312 0.0181 181 0.24 1.3 4120 610 86 6 28 2 5 6.1 25 0.43
KL46-01 312 315 0.0047 47 0.17 0.6 870 239 39 2 1 2 2.3 1.6 21 0.26
KL46-01 315 318 0.0115 115 0.17 0.1 1560 112 87 3 1 3 3.3 2.7 17 0.41
KL46-01 318 321 0.0072 72 0.53 1.4 2860 700 500 3 6 1 14 8.5 15 0.22
KL46-01 321 324 0.0347 347 0.54 0.8 1920 121 180 6 29 6 7.2 5.1 26 1.08
KL46-01 324 327 0.0056 56 0.07 0.1 670 132 34 5 1 1 1.3 0.6 18 0.01
KL46-01 327 328.2 0.0103 103 0.04 0.1 1260 193 20 2 1 1 1.5 0.0 18 0.01
KL46-01 328.2 329.5 0.093 930 0.11 0.7 510 52 51 220 8 7 2 5.0 58 0.01
KL46-01 329.5 332.6 0.34 3400 0.44 1.4 209 22 33 12 18 10 1.6 3.2 43 0.01
KL46-01 332.6 335.7 0.123 1230 0.27 1.2 6210 166 180 9 29 14 4.9 10.0 55 0.23
KL46-01 335.7 337.2 0.21 2100 0.09 0.9 2600 53 30 3 1 14 1 5.0 14 0.01
KL46-01 337.2 338.8 0.33 3300 0.13 1.7 270 26 35 13 3 16 1.6 4.1 36 0.01
KL46-01 338.8 341.9 0.119 1190 0.14 1.6 10800 44 38 4 21 12 3.3 7.7 31 0.01
KL46-01 341.9 345 0.3 3000 0.34 2.4 204 119 83 75 26 10 3 12.0 56 0.01
KL46-01 345 348 0.129 1290 0.09 1.3 800 176 33 54 8 8 1.4 12.9 30 0.01
KL46-01 348 351 0.103 1030 0.08 1.5 242 132 32 780 34 14 1.7 49.0 56 0.01
KL46-01 351 354 0.072 720 0.2 1.3 700 306 110 113 40 17 3 53.0 49 0.01
KL46-01 354 357 0.165 1650 0.3 1.3 1130 152 67 50 35 15 2.3 15.5 20 0.01
KL46-01 357 360 0.25 2500 0.23 1.7 14300 49 41 2 6 29 1.8 12.7 21 0.01
KL46-01 360 363 0.0089 89 0.06 0.1 480 44 35 1 1 2 1.7 0.6 17 0.01
KL46-01 363 366 0.73 7300 0.94 6.1 970 87 44 4 14 11 1.9 5.0 17 0.01
KL46-01 366 369 0.47 4700 0.34 4.4 3040 42 31 24 14 18 1.6 5.2 21 0.01
KL46-01 369 372 0.33 3300 0.24 1.4 252 31 21 25 3 15 2.9 2.9 15 0.01
KL46-01 372 375 0.39 3900 0.16 2.2 178 25 32 39 7 22 1.5 5.6 21 0.01
KL46-01 375 378 0.58 5800 0.32 3.1 660 47 180 21 33 22 4.7 13.2 28 0.27
KL46-01 378 381 0.62 6200 0.23 2.7 282 18 19 17 3 27 1.4 5.6 15 0.01
KL46-01 381 384 0.71 7100 0.37 1.9 530 46 270 7 6 19 2.9 7.4 53 0.11
KL46-01 384 387 0.313 3130 0.31 2.9 2930 244 140 10 35 17 6.1 11.7 64 0.19
KL46-01 387 390 0.67 6700 0.29 4.2 1370 121 95 9 4 31 3.2 6.6 45 0.01
KL46-01 390 393 0.171 1710 0.08 1.2 500 49 56 19 5 14 7.1 3.3 39 0.01
KL46-01 393 396 0.184 1840 0.11 1 205 31 39 6 7 12 2.3 3.8 24 0.01
KL46-01 396 399 0.495 4950 0.2 2.2 223 33 38 5 4 14 2.5 5.2 17 0.01
KL46-01 399 402 0.62 6200 0.73 2.7 176 21 35 23 14 18 2.4 5.8 36 0.01
KL46-01 402 405 0.0128 128 0.21 0.1 760 58 52 3 1 1 1.7 1.2 17 0.28
KL46-01 405 408 0.132 1320 0.11 0.5 195 26 43 14 1 8 1.1 2.5 22 0.01
KL46-01 408 410.9 0.275 2750 0.21 1.3 98 57 7 15 11 6 0.6 11.8 13 0.01
KL46-01 410.9 413.9 0.24 2400 0.14 0.5 59 17 9 50 2 8 0.4 2.7 15 0.01
KL46-01 413.9 415.6 0.052 520 0.02 0.1 26 12 4 13 3 3 0.3 1.1 9 0.01
KL46-01 415.6 418.6 0.138 1380 0.04 0.8 46 17 3 169 5 6 0.3 4.7 12 0.01
KL46-01 418.6 420 0.178 1780 0.11 1.3 88 40 21 300 7 10 1.1 8.3 13 0.01
KL46-01 420 423 0.061 610 0.08 0.5 68 26 12 363 3 7 0.8 3.0 29 0.01
KL46-01 423 426 0.131 1310 0.27 0.9 5600 1200 150 980 8 16 2.8 3.4 43 0.11
KL46-01 426 429 0.13 1300 0.13 0.8 126 36 24 890 12 13 0.4 6.1 84 0.01
KL46-01 429 432 0.67 6700 0.36 2.9 700 81 360 22 22 23 1.8 5.8 44 0.01
KL46-01 432 435 0.62 6200 0.24 1.8 399 23 30 11 2 19 0.6 5.5 32 0.01
KL46-01 435 438 0.52 5200 0.16 1.6 760 104 93 16 1 19 1.2 6.2 106 0.01



Appendix V - 427 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-01 438 440.2 0.55 5500 1.01 3.3 3820 1200 840 127 4 14 11.7 5.8 77 0.12
KL46-01 440.2 442.9 0.42 4200 0.31 1.6 169 38 54 94 2 12 2.1 6.5 31 0.01
KL46-01 442.9 444 0.112 1120 0.44 1 970 180 97 196 1 8 2.6 3.3 43 0.12
KL46-01 444 447 0.0249 249 0.05 0.1 152 20 23 37 2 5 0.4 1.5 24 0.01
KL46-01 447 450 0.0148 148 0.02 0.1 66 11 21 64 0.01 5 0.4 0.0 52 0.01
KL46-01 450 453 0.78 7800 0.15 1.8 204 9 50 13 1 30 2.6 5.8 58 0.01
KL46-01 453 455 1.02 10200 0.2 1.3 154 21 46 195 1 22 1.7 7.5 38 0.01
KL46-01 455 458 0.27 2700 0.16 1.3 163 54 34 27 1 12 0.8 4.3 67 0.01
KL46-01 458 459.9 0.059 590 0.4 0.6 287 128 100 30 0.01 12 1.3 2.7 32 0.01
KL46-01 459.9 462 0.112 1120 5.22 1.4 157 68 250 75 2 10 3.4 4.3 37 0.78
KL46-01 462 465 0.0186 186 0.28 0.1 215 80 67 660 1 8 2.6 2.0 29 0.01
KL46-01 465 468 0.27 2700 0.21 3 303 156 32 9 20 6 4.6 2.5 19 0.01
KL46-01 468 471 0.08 800 0.09 0.1 265 68 69 15 1 10 2.5 1.8 44 0.01
KL46-01 471 473.1 0.075 750 0.07 0.1 320 66 120 80 1 6 3.2 2.0 54 0.01
KL46-01 473.1 475 0.26 2600 0.13 1.5 408 61 200 42 1 4 3.1 4.8 20 0.01
KL46-01 475 477.4 0.22 2200 0.11 1.3 480 47 250 17 0.01 9 2.4 4.3 46 0.01
KL46-01 477.4 480 0.0082 82 0.01 0.1 168 8 15 4 0.01 10 0.3 0.0 14 0.01
KL46-01 480 483 0.028 280 0.02 0.1 274 36 28 14 1 11 0.7 0.8 20 0.01
KL46-01 483 486 0.32 3200 0.16 2.6 650 500 160 203 3 10 5.4 8.3 54 0.12
KL46-01 486 489 0.0257 257 0.01 0.1 130 15 12 9 1 7 0.4 0.5 15 0.01
KL46-01 489 492 0.062 620 0.02 0.1 388 112 32 5 0.01 9 0.7 0.8 16 0.01
KL46-01 492 495 0.85 8500 0.67 4.2 500 48 40 11 20 13 1.3 10.5 19 0.01
KL46-01 495 498 0.097 970 0.14 0.8 930 134 61 7 1 9 2.2 2.0 18 0.01
KL46-01 498 499.9 0.0346 346 0.06 0.1 374 30 22 4 0.01 8 0.6 0.6 15 0.01
KL46-01 499.9 501.3 0.066 660 0.06 0.1 318 25 64 5 0.01 4 0.7 1.3 17 0.01
KL46-01 501.3 504 0.18 1800 0.22 0.9 650 188 370 6 1 10 4.9 3.2 34 0.29
KL46-01 504 507 0.064 640 0.05 0.5 396 42 150 7 0.01 5 1.5 1.5 30 0.01
KL46-01 507 511.8 0.1 1000 0.06 0.1 1130 125 120 30 2 5 1.3 2.3 16 0.01
KL46-01 511.8 512.8 0.055 550 0.17 0.6 2020 580 100 52 3 4 1.7 1.5 28 0.1
KL46-01 512.8 515.7 0.37 3700 0.69 1.9 1410 265 300 9 2 9 3.9 5.5 21 0.23
KL46-01 515.7 517.8 0.16 1600 0.22 0.9 940 87 200 8 2 3 1.1 4.6 16 0.01
KL46-01 517.8 519 0.117 1170 0.3 0.5 1290 117 250 5 2 4 1.7 3.8 22 0.1
KL46-01 519 522 0.0304 304 0.22 0.1 1610 113 180 6 0.01 3 1 3.0 13 0.15
KL46-01 522 525 0.0388 388 0.4 1.5 4500 940 260 11 2 3 2.3 4.8 12 0.28
KL46-01 525 528 0.55 5500 0.4 3.5 4300 800 460 12 18 6 2.3 13.6 13 0.22
KL46-01 528 529.9 0.167 1670 0.3 1.3 1180 95 76 8 9 2 0.4 4.8 11 0.01
KL46-01 529.9 532.9 0.98 9800 0.52 4.3 1190 192 250 7 13 2 1.4 10.9 36 0.01
KL46-01 532.9 536 1.8 18000 0.75 3.6 1190 302 300 10 2 10 2.5 23.0 65 0.01
KL46-01 536 539 2.6 26000 1.08 5.9 1920 490 330 6 4 21 1.8 62.5 84 0.01
KL46-01 539 542.2 1.67 16700 1.17 2.1 450 53 7 10 2 18 1.7 14.5 49 0.01
KL46-01 542.2 545.3 2.48 24800 1.56 3.7 490 48 12 54 3 41 1.9 13.0 62 0.01
KL46-01 545.3 548.4 3 30000 1.3 5.1 700 35 3 43 3 28 1.6 15.0 34 0.01
KL46-01 548.4 551.5 3.95 39500 2.52 7.4 980 36 1 43 8 23 1.2 3.0 35 0.01
KL46-01 551.5 554.6 3.72 37200 3.14 4.8 1130 121 2 23 4 18 1.5 12.5 43 0.01
KL46-01 554.6 557.7 3.18 31800 5.18 14.1 2040 93 5 20 48 23 1.4 20.0 48 0.01
KL46-01 557.7 559.3 2.7 27000 1.96 10.6 291 18 4 4370 5 15 1.5 17.5 91 0.01
KL46-01 559.3 560.8 1.71 17100 11.2 7.6 2150 800 20 930 5 14 0.6 13.0 78 0.01
KL46-01 560.8 563.9 0.68 6800 1.59 1.8 1090 450 23 296 4 9 0.4 15.5 67 0.01
KL46-01 563.9 567 1.2 12000 1.32 15.3 690 105 41 99 40 14 0.6 17.5 86 0.01
KL46-01 567 570 1.67 16700 2.98 10.7 4200 1440 35 250 6 23 1 56.0 105 0.01
KL46-01 570 573 0.7 7000 2.72 11.2 4600 930 59 16 18 28 8 32.0 155 0.01
KL46-01 573 576 1.06 10600 1.16 5.1 720 92 39 62 6 16 0.6 12.2 132 0.01
KL46-01 576 579 0.96 9600 0.89 6.7 3300 870 36 117 6 16 0.4 14.0 98 0.44
KL46-01 579 582 0.67 6700 0.53 27.1 110 28 31 45 5 13 0.4 4.0 87 0.01
KL46-01 582 585 0.93 9300 0.99 20.1 550 104 70 60 7 12 0.5 11.0 113 0.01
KL46-01 585 588 0.85 8500 1.07 21.2 530 62 33 134 9 12 0.4 7.7 78 0.01
KL46-01 588 591 0.69 6900 1.87 12 2300 690 39 38 7 12 0.4 12.5 87 0.01
KL46-01 591 594 0.6 6000 1.6 18.9 278 102 31 75 7 14 0.2 12.0 105 0.01
KL46-01 594 597 0.45 4500 0.4 9.8 349 205 23 253 6 16 0.3 15.5 88 0.01
KL46-01 597 600 0.77 7700 0.39 12.1 660 150 36 146 7 14 0.5 13.0 95 0.01
KL46-01 600 603 0.79 7900 0.4 7.7 128 40 27 322 4 15 0.3 15.8 82 0.01
KL46-01 603 606 0.69 6900 0.3 14.7 264 184 28 218 8 13 0.7 11.3 80 0.01
KL46-01 606 609 0.72 7200 0.44 6.1 166 65 18 175 4 19 0.4 6.0 90 0.01



Appendix V - 428 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-01 609 612 1.22 12200 0.37 24.8 211 56 23 430 5 21 1 13.5 95 0.01
KL46-01 612 615 0.73 7300 0.27 5.3 54 18 41 219 5 15 0.2 15.8 110 0.01
KL46-01 615 618 0.78 7800 0.28 2.9 254 70 17 328 8 20 0.4 23.2 109 0.01
KL46-01 618 621 1.01 10100 0.21 3.1 91 201 9 144 6 16 0.4 24.8 112 0.01
KL46-01 621 624 0.86 8600 0.28 1.9 92 40 10 133 6 17 0.7 20.3 82 0.01
KL46-01 624 627 0.96 9600 0.53 2.2 109 22 14 138 6 16 0.9 23.5 93 0.01
KL46-01 627 630 0.74 7400 0.65 3.6 101 40 25 45 9 15 1.3 17.0 99 0.01
KL46-01 630 633 0.61 6100 0.75 7.8 152 43 55 82 10 11 0.2 13.0 98 0.01
KL46-01 633 636 0.67 6700 1.18 5.4 420 113 36 218 8 9 0.2 14.5 103 0.01
KL46-01 636 639 0.91 9100 0.79 4.8 1520 670 630 242 6 16 0.8 27.8 126 0.32
KL46-01 639 642 0.66 6600 0.32 3.3 91 25 65 64 5 13 7.4 19.8 57 0.01
KL46-01 642 645 0.76 7600 0.36 3.3 101 32 34 179 5 14 0.01 16.8 127 0.01
KL46-01 645 648 0.75 7500 0.49 3 48 13 14 110 4 15 0.8 17.5 88 0.01
KL46-01 648 651 0.96 9600 0.25 2.4 167 83 31 840 4 26 0.9 27.5 104 0.01
KL46-01 651 654 0.85 8500 0.36 3.2 62 15 35 72 5 22 0.8 23.5 43 0.01
KL46-01 654 657 0.61 6100 0.28 2.5 182 104 38 335 4 36 0.4 21.0 90 0.01
KL46-01 657 660 0.63 6300 0.25 3.6 53 37 22 161 3 16 0.01 8.0 76 0.01
KL46-01 660 663 1.33 13300 0.25 3.9 154 48 33 269 10 28 1.2 22.0 37 0.01
KL46-01 663 666 0.94 9400 0.27 3.6 175 166 110 227 5 16 1.9 23.0 82 0.1
KL46-01 666 669 0.85 8500 0.33 2.3 82 17 29 400 5 26 0.3 15.7 79 0.01
KL46-01 669 672 0.52 5200 0.44 2 78 25 37 450 5 27 0.3 12.5 67 0.01
KL46-01 672 675 0.36 3600 0.28 1.8 168 95 15 165 5 26 0.01 15.0 84 0.13
KL46-01 675 678 0.27 2700 0.27 1.3 127 38 16 400 4 22 0.01 11.5 63 0.21
KL46-01 678 681 0.28 2800 0.23 1.2 40 25 19 610 4 13 0.01 10.8 62 0.01
KL46-01 681 684 0.46 4600 0.35 2.8 60 18 8 750 3 20 0.01 10.0 54 0.01
KL46-01 684 687 0.58 5800 0.31 3.8 162 20 4 352 1 21 0.01 8.1 62 0.01
KL46-01 687 690 0.94 9400 0.48 4 355 85 11 620 1 19 0.01 6.5 63 0.37
KL46-01 690 693 0.67 6700 0.36 2.6 185 129 9 860 1 23 0.01 8.4 55 0.62
KL46-01 693 696 0.59 5900 0.49 2 690 179 13 200 2 30 0.3 15.8 88 3.27
KL46-01 696 699 0.68 6800 1.16 4.2 910 208 50 500 4 47 2.1 11.8 85 3.25
KL46-01 699 701.3 0.54 5400 1.21 3.4 970 187 9 369 3 83 0.4 17.0 36 3.7
KL46-01 701.3 704.3 0.54 5400 1.25 4.3 750 349 18 380 7 35 0.7 14.8 40 4.71
KL46-01 704.3 705.7 0.202 2020 2.49 3.7 157 386 4 400 2 20 0.01 6.0 62 5.03
KL46-01 705.7 708 0.82 8200 1.04 4.9 177 280 40 196 6 42 0.6 15.5 55 3.85
KL46-01 708 711 0.83 8300 4.47 6.1 1700 680 1850 1060 3 49 24.8 16.3 118 7.06
KL46-01 711 714 0.3 3000 0.27 1.8 950 313 790 460 3 35 14.6 13.8 93 2.4
KL46-01 714 717 0.199 1990 0.27 1.5 1040 304 320 680 5 72 8.2 38.0 102 2.14
KL46-01 717 720 0.059 590 0.16 1.5 440 293 92 690 3 47 2.9 31.0 100 0.45
KL46-01 720 722.2 0.059 590 0.13 2 530 410 120 500 2 37 3.7 15.5 127 0.55
KL46-01 722.2 725.3 0.069 690 0.1 0.6 116 240 160 378 2 25 5.5 12.8 127 0.5
KL46-01 725.3 728.3 0.183 1830 0.2 2.1 194 336 390 112 5 20 11 14.0 166 1
KL46-01 728.3 731.4 0.033 330 0.07 0.1 59 34 62 186 2 7 1.5 7.3 88 0.19
KL46-01 731.4 734.5 0.14 1400 0.13 0.8 119 112 220 127 4 9 2.3 7.6 146 0.64
KL46-01 734.5 737.6 0.187 1870 0.13 1.1 147 158 230 132 4 7 1.4 8.1 194 0.86
KL46-01 737.6 740.7 0.54 5400 0.24 2.2 1800 660 1130 86 5 7 14.5 9.0 81 3.81
KL46-01 740.7 743.7 0.9 9000 1.3 4.8 1540 1030 550 387 4 25 3 10.0 101 3.2
KL46-01 743.7 746.8 0.38 3800 0.24 2 126 50 120 400 3 18 1.5 5.8 65 0.32
KL46-01 746.8 749.9 0.27 2700 0.14 1.6 57 23 5 235 2 14 0.4 4.0 68 0.01
KL46-01 749.9 753 0.52 5200 0.23 1.7 47 14 4 950 2 17 0.2 5.3 55 0.01
KL46-01 753 756 0.21 2100 0.12 1.4 74 235 7 1160 1 10 0.7 4.1 19 0.01
KL46-01 756 759 1.38 13800 0.82 4 75 10 4 660 2 59 0.3 6.0 38 0.01
KL46-01 759 762 0.498 4980 0.23 2.3 85 31 6 450 2 35 0.5 4.3 23 0.01
KL46-01 762 765 0.267 2670 0.1 1.2 26 12 4 394 1 11 0.5 2.0 10 0.01
KL46-01 765 768 0.229 2290 0.05 1.4 97 86 5 740 2 10 0.5 5.0 11 0.01
KL46-01 768 771 0.406 4060 0.17 1.3 38 10 5 278 1 19 0.4 2.8 23 0.01
KL46-01 771 773.8 0.93 9300 0.79 1.8 56 9 21 9 0.01 36 1.2 9.0 33 0.01
KL46-01 773.8 776.9 0.71 7100 0.55 1.5 75 13 5 4 0.01 36 0.4 6.5 47 0.01
KL46-01 776.9 780 0.365 3650 0.4 1.2 80 7 4 7 0.01 28 0.5 4.3 25 0.01
KL46-01 780 783 0.467 4670 0.33 2.7 124 8 15 3 6 21 1.4 4.5 24 0.01
KL46-01 783 786 0.485 4850 0.38 1.7 131 19 12 9 3 22 1 3.8 29 0.01
KL46-01 786 789 0.51 5100 0.5 2.5 203 56 49 7 4 16 2.4 5.5 33 0.01
KL46-01 789 792 0.309 3090 0.41 1.3 116 15 22 7 2 10 1.9 2.3 24 0.01
KL46-01 792 795 0.516 5160 0.55 1.7 109 15 22 22 2 7 1.1 7.5 22 0.01



Appendix V - 429 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-01 795 798 0.195 1950 0.26 1.5 199 23 10 2 2 6 0.5 1.8 14 0.01
KL46-01 798 801 0.94 9400 1.17 5.5 203 14 21 4 2 17 3 6.5 25 0.01
KL46-01 801 804 0.047 470 0.07 0.1 127 35 8 3 1 1 0.2 1.2 11 0.01
KL46-01 804 806.4 0.128 1280 0.18 1.8 143 50 6 4 1 5 0.01 2.0 9 0.01
KL46-01 806.4 809.5 0.0264 264 0.01 0.7 110 56 2 56 1 1 0.01 1.1 8 0.01
KL46-01 809.5 811.3 0.059 590 0.03 0.1 44 11 4 4 2 1 0.01 1.0 10 0.01
KL46-01 811.3 814.1 0.0154 154 0.01 0.1 96 16 3 6 3 1 0.01 1.1 8 0.01
KL46-01 814.1 816 0.023 230 0.01 0.5 14 8 2 7 2 1 0.01 0.8 8 0.01
KL46-01 816 818.6 0.0105 105 0.01 0.1 37 11 3 6 1 2 0.01 1.3 12 0.01
KL46-01 818.6 820 0.061 610 0.03 0.9 1380 11 5 33 4 3 0.01 10.2 22 0.01
KL46-01 820 822 0.04 400 0.04 0.1 90 12 8 11 4 8 0.7 2.5 32 0.01
KL46-01 822 824.2 0.011 110 0.01 0.1 68 44 3 3 5 1 0.2 1.3 12 0.01
KL46-01 824.2 826.9 0.0312 312 0.03 0.1 22 11 6 10 28 1 0.3 1.5 18 0.01
KL46-01 826.9 828 0.092 920 0.04 0.5 63 26 17 20 4 1 0.2 3.5 16 0.01
KL46-01 828 829.5 0.0305 305 0.02 0.6 129 34 9 11 6 1 0.01 2.3 12 0.01
KL46-01 829.5 831 0.0258 258 0.01 0.5 133 74 2 4 2 1 0.2 1.3 13 0.01
KL46-01 831 834 0.14 1400 0.06 1.7 228 125 26 4 7 2 0.3 3.0 13 0.01
KL46-01 834 837 0.049 490 0.04 0.5 80 34 3 12 7 2 0.01 2.5 17 0.01
KL46-01 837 839.8 0.0115 115 0.02 0.5 24 14 2 5 5 1 0.01 1.3 17 0.01
KL46-01 839.8 842.9 0.0147 147 0.01 0.1 25 9 1 3 1 1 0.01 0.8 9 0.01
KL46-01 842.9 844.3 0.0168 168 0.03 0.1 50 24 2 4 2 1 0.01 1.3 13 0.01
KL46-01 844.3 846 0.0103 103 0.01 0.6 32 11 2 6 3 1 0.01 0.5 19 0.01
KL46-01 846 847.5 0.102 1020 0.04 0.1 103 10 8 4 2 1 0.2 2.8 18 0.01
KL46-01 847.5 849.3 0.1 1000 0.02 0.6 48 12 6 3 6 1 0.3 8.2 18 0.01
KL46-01 849.3 852 0.043 430 0.02 0.6 56 22 3 6 3 1 0.01 1.2 11 0.01
KL46-01 852 855 0.106 1060 0.04 0.6 132 22 6 6 4 3 0.01 2.0 18 0.01
KL46-01 855 857.4 0.11 1100 0.06 0.8 261 30 5 29 1 3 0.8 1.3 20 0.01
KL46-01 857.4 860.5 0.452 4520 0.25 2 234 10 19 5 0.01 22 0.3 4.8 21 0.01
KL46-01 860.5 863.6 0.396 3960 0.43 3.2 380 7 16 37 1 24 7.9 5.4 30 0.01
KL46-01 863.6 866.7 0.52 5200 0.36 2.6 332 11 9 25 0.01 13 0.6 6.5 21 0.01
KL46-01 866.7 869.8 0.71 7100 0.55 3.4 223 27 13 61 1 24 1 7.4 29 0.01
KL46-01 869.8 872.2 0.401 4010 0.15 1.3 148 35 9 760 0.01 11 0.5 4.0 15 0.01
KL46-01 872.2 873.6 0.509 5090 0.2 1.8 139 23 12 25 2 16 0.6 6.0 20 0.01
KL46-01 873.6 876 0.74 7400 0.29 2.3 120 11 7 500 1 18 1.1 7.0 16 0.01
KL46-01 876 879 0.71 7100 0.49 1.9 214 21 9 14 1 31 0.2 5.0 20 0.01
KL46-01 879 882 1.07 10700 0.91 3 266 43 21 20 1 23 0.3 7.0 18 0.01
KL46-01 882 885 0.338 3380 0.19 1.1 66 20 25 83 0.01 9 0.3 1.6 15 0.01
KL46-01 885 888 0.101 1010 0.06 0.8 107 20 7 14 0.01 4 0.2 2.1 11 0.01
KL46-01 888 891 0.095 950 0.05 0.8 21 6 3 192 0.01 5 0.2 1.7 33 0.01
KL46-01 891 894 0.6 6000 0.29 2.5 193 41 12 221 2 16 0.7 5.5 26 0.01
KL46-01 894 897 0.74 7400 0.55 3.3 281 9 8 117 1 23 0.4 6.8 29 0.01
KL46-01 897 900 0.06 600 0.06 0.1 144 9 8 12 0.01 4 0.3 1.6 28 0.01
KL46-01 900 903 0.077 770 0.12 0.8 70 7 6 28 1 5 0.2 1.8 24 0.01
KL46-01 903 906 0.079 790 0.08 0.7 104 15 5 15 0.01 8 0.01 1.7 26 0.01
KL46-01 906 908.6 0.042 420 0.03 0.5 73 11 6 5 0.01 4 0.01 1.8 17 0.01
KL46-01 908.6 911.7 0.307 3070 0.21 1.5 194 8 5 17 0.01 15 0.3 7.9 25 0.01
KL46-01 911.7 914.8 0.37 3700 0.26 2 180 7 3 18 0.01 9 0.2 4.5 26 0.01
KL46-01 914.8 917.9 0.64 6400 0.59 2 259 76 7 22 1 24 0.3 7.0 32 0.01
KL46-01 917.9 921 0.36 3600 0.11 0.7 58 8 1 16 0.01 32 0.2 7.5 27 0.01
KL46-01 921 924 0.52 5200 0.37 2.4 180 10 4 18 0.01 35 0.2 12.4 41 0.01
KL46-01 924 927 0.469 4690 0.4 2 168 30 5 41 0.01 17 0.2 2.8 43 0.26
KL46-01 927 930 0.66 6600 0.39 2.2 172 43 5 8 2 23 0.2 7.3 41 0.01
KL46-01 930 933 0.471 4710 0.31 1.6 93 28 5 28 0.01 14 0.01 5.0 30 0.01
KL46-01 933 936 1.09 10900 0.45 2.6 172 22 29 95 0.01 27 0.6 8.0 40 0.01
KL46-01 936 939 0.22 2200 0.07 1.9 89 59 21 281 0.01 8 0.8 2.3 25 0.01
KL46-01 939 942 0.126 1260 0.06 1.5 140 291 22 155 1 5 1.1 2.4 75 0.01
KL46-01 942 945 0.285 2850 0.53 1.1 209 81 26 142 3 6 0.9 4.0 73 0.01
KL46-01 945 948 1.65 16500 15.6 11.8 274 56 12 8 269 14 3 16.9 30 0.23
KL46-01 948 951 0.257 2570 0.36 1.1 70 29 38 25 5 4 1.1 3.4 16 0.01
KL46-02 0 2.5 0.0246 246 0.12 0.1 237 68 7 7 0.01 1 0.7 0.5 26 0.01
KL46-02 2.5 4.6 0.002 20 0.01 0.1 32 9 10 2 0.01 1 0.3 1.3 37 0.28
KL46-02 4.6 7.7 0.0037 37 0.01 0.1 32 10 16 4 0.01 1 0.4 1.3 24 0.01
KL46-02 7.7 10.8 0.0018 18 0.01 0.1 24 9 14 2 0.01 1 0.3 0.8 15 0.01



Appendix V - 430 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-02 10.8 13.9 0.0033 33 0.01 0.1 89 8 22 3 0.01 1 0.4 1.7 13 0.01
KL46-02 13.9 15.9 0.0036 36 0.01 0.1 32 10 30 4 0.01 1 0.8 1.6 27 0.13
KL46-02 15.9 18.8 0.0021 21 0.01 0.1 43 14 23 7 0.01 1 1.1 1.6 25 0.1
KL46-02 18.8 21.5 0.0053 53 0.03 0.1 46 22 38 9 1 1 1.4 1.6 20 0.01
KL46-02 21.5 24 0.0037 37 0.01 0.1 22 15 10 3 0.01 1 0.7 1.4 17 0.01
KL46-02 24 26 0.0012 12 0.01 0.1 26 14 17 3 0.01 1 0.6 1.6 18 0.01
KL46-02 26 29.1 0.0024 24 0.01 0.1 16 11 14 3 0.01 1 0.3 0.9 19 0.01
KL46-02 29.1 32.1 0.0013 13 0.01 0.1 18 8 12 4 0.01 1 0.3 1.6 22 0.01
KL46-02 32.1 35.3 0.0011 11 0.01 0.1 24 9 16 3 0.01 1 0.5 1.6 24 0.01
KL46-02 35.3 38.5 0.0012 12 0.09 0.1 26 11 22 4 0.01 1 0.6 0.5 24 0.15
KL46-02 38.5 41.5 0.0013 13 0.01 0.1 20 9 8 3 0.01 1 0.2 0.0 20 0.01
KL46-02 41.5 44.5 0.0016 16 0.01 0.1 23 10 14 4 0.01 1 0.01 1.1 22 0.01
KL46-02 44.5 47.5 0.0012 12 0.03 0.1 34 9 9 3 0.01 1 0.2 2.4 22 0.01
KL46-02 47.5 50.5 0.0011 11 0.01 0.1 19 12 14 6 0.01 1 0.3 1.3 30 0.01
KL46-02 50.5 53.5 0.0008 8 0.01 0.1 21 11 10 2 0.01 2 0.4 1.2 28 0.01
KL46-02 53.5 56.5 0.0053 53 0.02 0.1 39 15 17 2 0.01 1 0.6 1.5 22 0.01
KL46-02 56.5 59.2 0.0029 29 0.04 0.1 49 13 12 2 0.01 1 0.7 2.0 21 0.01
KL46-02 59.2 62.3 0.0027 27 0.01 0.1 25 31 11 8 0.01 1 0.8 3.0 28 0.01
KL46-02 62.3 65.4 0.0062 62 0.02 0.1 22 10 8 7 0.01 1 0.4 1.1 28 0.01
KL46-02 65.4 68.4 0.0012 12 0.01 0.1 17 11 10 2 0.01 1 0.4 1.6 21 0.01
KL46-02 68.4 71.5 0.0021 21 0.03 0.1 29 20 22 8 1 1 1.1 2.3 39 0.01
KL46-02 71.5 74.5 0.001 10 0.01 0.1 24 12 9 2 0.01 1 0.3 1.1 28 0.01
KL46-02 74.5 77.5 0.0012 12 0.02 0.1 62 16 18 3 0.01 1 0.6 2.5 27 0.01
KL46-02 77.5 80.5 0.0024 24 0.01 0.1 40 17 19 1 0.01 1 1 1.7 25 0.01
KL46-02 80.5 83.5 0.0045 45 0.02 0.1 83 41 26 8 0.01 1 1.9 2.2 41 0.01
KL46-02 83.5 86.5 0.0039 39 0.02 0.1 144 122 37 3 0.01 1 1.6 2.3 42 0.01
KL46-02 86.5 89.5 0.0124 124 0.11 0.1 96 96 110 16 0.01 1 2.2 5.4 36 0.01
KL46-02 89.5 92.5 0.0017 17 0.04 0.1 70 99 33 5 0.01 1 1.5 5.5 110 0.01
KL46-02 92.5 95.7 0.0064 64 0.26 4 750 760 63 3 1 1 7.9 36.0 41 0.01
KL46-02 95.7 97.8 0.38 3800 1.53 72 62500 41600 1210 164 670 9 150 1360.0 95 1.6
KL46-02 97.8 100.9 2.34 23400 2.68 88 4200 2900 5600 405 2900 26 420 98.0 97 4.61
KL46-02 100.9 104.5 0.181 1810 1.78 9.5 378 160 710 103 102 8 156 23.3 176 1.69
KL46-02 104.5 107.5 0.172 1720 1.94 8.3 830 570 940 720 106 12 66 60.0 111 3.45
KL46-02 107.5 110.5 0.0172 172 0.32 1.1 94 62 140 24 92 6 7.5 9.5 193 0.43
KL46-02 110.5 113.4 0.005 50 0.19 0.6 134 81 76 41 7 1 3.8 2.1 153 0.22
KL46-02 113.4 116.4 0.0199 199 1.12 1.1 300 99 380 1070 192 1 20 17.8 54 1.98
KL46-02 116.4 119.5 0.0032 32 0.46 0.5 94 24 180 53 107 3 5 4.9 132 0.52
KL46-02 119.5 122.3 0.0035 35 1.5 1.6 362 114 440 290 22 7 9.3 7.3 122 1.14
KL46-02 122.3 125.5 0.0059 59 1.12 1.6 267 86 490 480 56 7 12.2 5.3 161 1.05
KL46-02 125.5 128 0.009 90 1.05 1.4 244 329 410 910 40 12 11.2 6.7 68 0.79
KL46-02 128 131 0.0132 132 1.6 1.9 480 270 640 590 18 10 20 6.8 135 1.76
KL46-02 131 134 0.0038 38 1.41 0.7 275 64 460 194 6 6 14 7.3 59 1.79
KL46-02 134 136 0.0195 195 1.36 1 235 78 760 318 20 8 19.5 6.2 58 1.77
KL46-02 136 139.7 0.034 340 1.49 1.3 550 238 1260 590 34 9 21 6.5 116 1.97
KL46-02 139.7 147.6 0.0381 381 1.47 3.1 750 240 740 258 27 9 25 8.7 181 1.6
KL46-02 147.6 149.5 0.0202 202 0.07 0.6 70 26 49 51 4 1 2.9 1.1 25 0.1
KL46-02 149.5 151.9 0.0081 81 0.08 0.8 339 65 49 38 6 1 6.4 2.6 25 0.1
KL46-02 151.9 155.5 0.0079 79 0.13 1.7 373 139 85 16 4 1 6.3 4.5 17 0.16
KL46-02 155.5 158.5 0.0043 43 0.02 0.5 160 46 24 11 3 1 2.2 2.8 17 0.01
KL46-02 158.5 161.5 0.0193 193 0.06 1.3 510 54 85 10 4 1 9.6 2.7 20 0.15
KL46-02 161.5 164.5 0.0157 157 0.08 0.9 148 43 69 20 4 1 5.2 1.3 27 0.2
KL46-02 164.5 167.7 0.0159 159 0.09 1 167 62 84 18 10 1 5.2 1.4 24 0.1
KL46-02 167.7 170.5 0.094 940 0.52 5.7 1370 236 540 47 20 1 24 6.2 31 0.27
KL46-02 170.5 173.2 0.23 2300 0.32 7.1 950 355 700 176 120 17 23 17.8 27 0.16
KL46-02 173.2 175.3 0.118 1180 0.75 3.8 1010 179 480 164 42 8 20 8.3 31 0.25
KL46-02 175.3 178.7 0.0336 336 0.2 1.4 760 164 78 83 20 1 3.6 4.3 21 0.1
KL46-02 178.7 182.5 0.63 6300 0.59 5.3 7200 55 1050 156 38 8 25 11.0 38 0.45
KL46-02 182.5 185.4 0.65 6500 0.33 5.3 5100 60 1250 140 17 8 40 12.0 38 0.52
KL46-02 185.4 187.7 0.105 1050 0.1 1.1 1140 49 270 44 3 4 7 4.0 22 0.14
KL46-02 187.7 190.9 0.097 970 0.09 2.4 1780 188 200 128 22 3 7.9 6.1 25 0.1
KL46-02 190.9 194.5 0.129 1290 0.27 12 20500 4700 300 285 12 3 20 32.0 33 0.75
KL46-02 194.5 197.5 0.0185 185 0.05 2.3 510 93 60 57 4 1 4 2.8 39 0.01
KL46-02 197.5 199.9 0.018 180 0.03 0.9 244 65 40 18 3 1 2.4 1.6 28 0.01



Appendix V - 431 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-02 199.9 202.9 0.065 650 0.08 1.5 159 37 210 32 1 1 9.9 2.8 27 0.01
KL46-02 202.9 205.2 0.112 1120 0.13 1.7 347 89 170 27 2 1 12 2.2 26 0.15
KL46-02 205.2 206.9 0.048 480 0.19 2.1 2470 146 110 162 20 2 5.4 8.5 12 0.1
KL46-02 206.9 209.5 0.14 1400 0.18 3.1 1260 298 80 107 28 1 3.3 8.0 15 0.01
KL46-02 209.5 212.5 0.124 1240 0.24 2.9 3190 790 60 124 24 2 2.9 9.8 14 0.01
KL46-02 212.5 215.3 0.023 230 0.05 1.2 460 207 32 18 2 1 2.7 2.0 10 0.01
KL46-02 215.3 218 0.01 100 0.05 0.9 430 180 21 24 1 1 2.6 1.5 10 0.01
KL46-02 218 220.8 0.0113 113 0.1 2.8 1640 950 27 25 2 1 4.3 5.5 12 0.2
KL46-02 220.8 223.2 0.39 3900 0.09 8.8 7100 850 270 32 70 5 80 14.5 23 0.23
KL46-02 223.2 226.6 0.0264 264 0.05 1.9 1430 590 58 25 1 1 4.7 1.8 15 0.1
KL46-02 226.6 229.5 0.0183 183 0.01 0.9 362 117 18 28 2 1 2.4 1.5 13 0.01
KL46-02 229.5 231.6 0.024 240 0.04 2.1 710 257 36 14 1 1 5.6 2.1 12 0.01
KL46-02 231.6 233.5 0.0123 123 0.03 0.9 680 267 39 13 1 1 3.4 2.2 11 0.01
KL46-02 233.5 236.2 0.0095 95 0.07 0.9 540 136 35 28 1 1 3.6 1.8 15 0.01
KL46-02 236.2 238.7 0.0146 146 0.1 1.4 1230 247 43 17 1 1 5 1.0 13 0.01
KL46-02 238.7 241.8 0.092 920 0.25 7 9000 3000 160 21 3 1 31 4.5 13 0.17
KL46-02 241.8 244.5 0.056 560 0.15 12.4 6500 4300 210 13 1 1 70 2.8 10 0.19
KL46-02 244.5 247.5 0.134 1340 0.33 1.4 500 115 57 23 18 1 2.4 3.3 16 0.01
KL46-02 247.5 251.5 0.054 540 0.19 1.5 910 365 56 38 2 1 4.9 3.4 19 0.01
KL46-02 251.5 254.5 0.074 740 0.24 1 296 38 43 245 2 1 1.7 2.5 17 0.01
KL46-02 254.5 257.5 0.079 790 0.17 4.3 510 208 94 37 5 1 51 2.8 20 0.1
KL46-02 257.5 260.5 0.57 5700 1.07 9 1090 268 440 54 8 10 47 17.2 52 0.22
KL46-02 260.5 263.5 0.297 2970 0.4 10.2 3930 2480 330 23 13 4 40 8.0 34 0.36
KL46-02 263.5 266.5 0.72 7200 0.6 7 2300 690 490 54 14 13 10.5 11.5 61 0.43
KL46-02 266.5 269.5 0.65 6500 0.74 6.1 1030 177 290 37 2 28 9 7.8 44 0.13
KL46-02 269.5 272.5 0.2 2000 0.35 5.6 4250 1460 210 27 4 8 6.8 7.3 33 1.02
KL46-02 272.5 275.5 0.128 1280 0.21 1.5 1010 111 77 18 2 9 3.8 3.0 22 0.01
KL46-02 275.5 278.5 0.24 2400 0.88 2.3 460 43 180 24 24 20 3 6.0 20 0.01
KL46-02 278.5 281.5 0.339 3390 0.47 4.1 1650 56 120 35 3 21 4.3 3.8 23 0.01
KL46-02 281.5 284.5 0.22 2200 0.7 2.6 820 220 240 430 3 18 14.5 6.3 21 0.15
KL46-02 284.5 287.5 0.32 3200 0.71 4.3 1670 201 350 85 2 20 28 7.8 24 0.1
KL46-02 287.5 290.5 0.154 1540 0.44 2.3 29300 123 220 41 2 54 40 12.5 34 0.26
KL46-02 290.5 293.5 0.25 2500 1.36 43 13600 12100 1180 98 21 20 44 4.0 49 0.19
KL46-02 293.5 296.5 0.141 1410 0.44 7.9 2260 1950 200 234 0.01 6 11.4 1.5 60 0.11
KL46-02 296.5 299.5 0.265 2650 1.06 12.7 4120 2230 440 364 1 6 15.8 4.8 41 0.29
KL46-02 299.5 302.5 0.29 2900 0.56 6 720 333 210 650 1 7 8.7 4.5 100 0.2
KL46-02 302.5 305.5 0.072 720 0.15 1 207 48 120 260 0.01 6 4.8 2.0 55 0.01
KL46-02 305.5 307.5 0.21 2100 0.36 4.1 1890 600 200 56 2 10 9.2 4.5 86 0.31
KL46-02 307.5 310.5 0.098 980 0.14 2.1 420 133 51 296 1 7 2.9 1.9 50 0.01
KL46-02 310.5 313.5 0.124 1240 0.13 5.9 960 400 37 610 2 6 3.2 12.3 80 0.01
KL46-02 313.5 316.5 0.105 1050 0.11 1.5 650 236 40 550 3 7 2.2 2.2 41 0.01
KL46-02 316.5 319.5 0.098 980 0.12 1.5 630 233 31 1000 1 4 1.6 3.5 16 0.01
KL46-02 319.5 322.5 0.137 1370 0.23 1.1 630 183 39 520 1 5 1.3 3.0 17 0.01
KL46-02 322.5 325.5 0.376 3760 0.26 3.3 2110 540 66 1070 16 6 6 6.3 13 0.01
KL46-02 325.5 328.5 0.22 2200 0.15 2.2 346 219 39 1410 6 9 2.4 7.5 45 0.01
KL46-02 328.5 331.5 0.47 4700 0.23 4.6 600 325 53 860 8 9 4.1 7.3 47 0.01
KL46-02 331.5 334.3 0.6 6000 0.26 5.8 590 130 77 345 5 10 2.9 10.8 56 0.01
KL46-02 334.3 337.5 0.73 7300 0.4 2.9 600 328 120 125 1 13 5.7 6.5 68 0.11
KL46-02 337.5 340.5 2.11 21100 3.15 12.9 7100 840 800 63 4 56 60 15.2 45 0.48
KL46-02 340.5 343.5 2.13 21300 1.87 15.4 870 215 870 980 7 37 32 10.5 55 0.27
KL46-02 343.5 345.5 1.28 12800 2.08 8.5 314 136 450 520 3 17 14.5 2.0 39 0.28
KL46-02 345.5 347.5 0.413 4130 0.88 4.3 600 169 400 36 8 71 5.2 0.0 31 0.11
KL46-02 347.5 350.5 0.0172 172 0.25 3.2 1200 540 68 10 1 1 3.9 2.7 13 0.01
KL46-02 350.5 353.5 0.0049 49 0.37 1.4 830 480 390 5 1 1 4 1.9 12 0.1
KL46-02 353.5 356.5 0.0085 85 0.71 4 1990 1250 830 5 1 1 12.7 4.6 22 0.19
KL46-02 356.5 359.5 0.011 110 0.31 1.7 770 331 110 6 2 1 3.9 3.6 14 0.01
KL46-02 359.5 362.5 0.0094 94 0.22 1.4 510 213 67 12 1 2 4.4 3.7 16 0.01
KL46-02 362.5 365.5 0.0042 42 0.06 0.6 147 60 25 4 0.01 1 3.6 2.3 14 0.01
KL46-02 365.5 368.5 0.0041 41 0.07 1.2 183 94 21 2 0.01 1 2.2 2.7 13 0.01
KL46-02 368.5 371.5 0.0046 46 0.14 1.4 273 142 28 2 0.01 1 2 4.2 15 0.1
KL46-02 371.5 374.5 0.0124 124 0.15 1 560 158 46 8 0.01 2 2.5 3.8 16 0.01
KL46-02 374.5 377.5 0.0017 17 0.02 4.1 450 900 11 2 0.01 1 5 3.9 18 0.01
KL46-02 377.5 380.5 0.0023 23 0.05 0.7 660 171 19 2 0.01 1 3 5.8 22 0.01



Appendix V - 432 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-02 380.5 383.5 0.0053 53 0.1 4 2930 1100 52 3 0.01 1 4.8 31.3 24 0.01
KL46-02 383.5 386.5 0.0072 72 0.02 0.1 123 72 9 3 0.01 1 0.5 1.5 20 0.01
KL46-02 386.5 389.5 0.0013 13 0.02 0.1 140 64 19 3 0.01 1 1 2.2 16 0.01
KL46-02 389.5 392.5 0.0009 9 0.01 0.1 88 34 6 3 0.01 1 0.3 1.0 15 0.01
KL46-02 392.5 395.5 0.0016 16 0.02 0.1 180 60 20 4 0.01 1 0.2 0.9 20 0.01
KL46-02 395.5 398.5 0.0032 32 0.05 0.1 254 84 20 4 0.01 1 0.8 2.3 16 0.01
KL46-02 398.5 401.5 0.0019 19 0.02 0.1 680 520 21 6 0.01 1 1.2 5.4 17 0.01
KL46-02 401.5 404.5 0.0019 19 0.02 0.1 500 221 41 5 0.01 1 1.6 4.9 21 0.01
KL46-02 404.5 407.5 0.0038 38 0.27 0.1 2370 1860 32 23 3 1 2.8 2.2 18 0.01
KL46-02 407.5 410.5 0.0027 27 0.03 0.7 184 233 26 3 3 1 0.8 3.8 27 0.01
KL46-02 410.5 413.5 0.0022 22 0.02 0.1 167 110 30 4 0.01 3 1.6 1.6 27 0.01
KL46-02 413.5 416.5 0.144 1440 0.09 0.1 375 22 43 5 0.01 11 1.5 1.4 30 0.01
KL46-02 416.5 419.5 0.0035 35 0.01 0.1 76 21 18 3 0.01 2 1 0.0 22 0.01
KL46-02 419.5 422.5 0.0056 56 0.03 0.1 75 18 22 7 0.01 3 1.1 1.2 27 0.01
KL46-02 422.5 425.5 0.0032 32 0.05 0.1 73 23 32 4 0.01 4 1.4 0.0 27 0.01
KL46-02 425.5 428.5 0.0049 49 0.04 0.1 137 22 61 15 0.01 4 1.6 1.6 29 0.01
KL46-02 428.5 431.5 0.0075 75 0.01 0.1 108 20 26 12 0.01 4 1.4 1.0 14 0.01
KL46-02 431.5 434.5 0.0019 19 0.02 0.1 81 61 33 3 0.01 3 1.2 1.4 30 0.01
KL46-02 434.5 437.5 0.0023 23 0.01 0.1 100 15 30 11 0.01 3 1.9 1.1 26 0.01
KL46-02 437.5 440.5 0.0018 18 0.02 0.1 180 21 25 4 0.01 4 2.8 2.1 30 0.01
KL46-02 440.5 443.5 0.0014 14 0.18 0.1 176 26 35 4 0.01 4 2.3 2.2 27 0.01
KL46-02 443.5 446.5 0.0026 26 0.08 0.1 234 23 54 16 0.01 4 4 3.3 36 0.01
KL46-02 446.5 449.5 0.0017 17 0.03 0.1 245 17 71 23 0.01 4 4.4 3.4 41 0.01
KL46-02 449.5 452.5 0.0025 25 0.03 0.1 199 19 45 18 0.01 3 3.9 3.2 23 0.01
KL46-02 452.5 455.5 0.0015 15 0.01 0.1 80 16 44 6 0.01 3 1.3 1.0 24 0.01
KL46-02 455.5 458.5 0.0028 28 0.05 0.1 80 15 74 39 0.01 2 1.2 0.9 31 0.01
KL46-02 458.5 461.5 0.0044 44 0.13 0.5 150 21 100 37 1 3 1.1 2.0 26 0.01
KL46-02 461.5 464.5 0.102 1020 0.12 0.8 98 19 74 9 0.01 4 1.2 4.1 39 0.01
KL46-02 464.5 467.5 0.0047 47 0.06 0.1 192 25 90 9 0.01 2 2.1 2.3 25 0.01
KL46-02 467.5 470.5 0.0071 71 0.03 0.1 76 15 64 3 0.01 2 1.1 1.5 18 0.1
KL46-02 470.5 473.2 0.062 620 0.12 0.8 115 21 61 9 0.01 2 1.3 3.7 18 0.01
KL46-02 473.2 476.5 1.25 12500 2.44 6.2 1730 17 160 320 78 38 2 16.0 53 0.01
KL46-02 476.5 479.5 1.2 12000 3.22 3.8 201 8 200 88 69 28 1.8 15.5 99 0.01
KL46-02 479.5 482.5 0.197 1970 0.99 0.8 193 21 80 220 4 10 1.6 3.8 44 0.01
KL46-02 482.5 485.5 0.098 980 0.47 1 173 54 120 113 4 8 2.9 3.3 82 0.01
KL46-02 485.5 488.5 0.072 720 0.27 0.7 292 101 120 500 1 8 2.9 3.2 54 0.01
KL46-02 488.5 491.5 0.116 1160 0.15 1.8 324 183 160 138 2 3 2.5 3.6 110 0.01
KL46-02 491.5 494.5 0.067 670 0.19 0.8 110 65 110 51 3 3 1.9 1.8 235 0.01
KL46-02 494.5 497.5 0.095 950 0.2 1.8 308 151 160 79 1 4 2.9 3.0 199 0.01
KL46-02 497.5 500.5 0.128 1280 0.2 1.6 119 137 320 81 2 8 3.7 3.9 215 0.01
KL46-02 500.5 503.5 0.068 680 0.2 1 132 53 170 40 1 3 2.5 3.2 81 0.01
KL46-02 503.5 505.6 0.28 2800 1.25 2.8 890 158 340 530 23 7 9.4 7.0 70 0.01
KL46-02 505.6 509.5 0.67 6700 1.1 3.9 1290 210 630 1125 15 22 7.8 9.8 75 0.01
KL46-02 509.5 512.5 3.06 30600 2.39 9.4 1940 140 480 204 12 50 7 61.3 192 0.14
KL46-02 512.5 515.5 0.89 8900 1.17 3.4 1410 110 1080 200 17 22 10.8 17.0 160 0.13
KL46-02 515.5 518.5 0.123 1230 0.71 0.8 324 105 360 95 1 4 8.8 6.1 80 0.01
KL46-02 518.5 521.5 0.098 980 0.89 0.7 1050 116 380 371 1 6 9.4 5.4 43 0.01
KL46-02 521.5 523.8 0.126 1260 3.41 15.5 2900 8480 625 215 11 6 30.1 16.6 128 0.14
KL46-02 523.8 525.4 0.0212 212 0.3 0.5 224 109 83 68 0.01 1 3 3.2 26 0.01
KL46-02 525.4 527.5 0.053 530 1.09 1.3 570 299 250 50 1 2 9.7 6.8 41 0.1
KL46-02 527.5 530.5 0.0087 87 0.23 0.8 162 115 52 15 0.01 2 4.6 5.1 21 0.01
KL46-02 530.5 533.5 0.02 200 0.33 0.7 122 75 70 33 0.01 2 4.8 5.6 27 0.01
KL46-02 533.5 536.5 0.0064 64 0.07 0.1 74 36 17 6 0.01 1 1 2.1 18 0.01
KL46-02 536.5 539.5 0.0082 82 0.17 0.1 312 58 41 11 0.01 1 1.9 4.7 22 0.01
KL46-02 539.5 542.5 0.0017 17 0.07 0.1 74 29 14 4 0.01 1 1.1 3.0 19 0.01
KL46-02 542.5 545.5 0.0029 29 0.04 0.1 89 99 15 10 0.01 1 0.7 2.0 16 0.01
KL46-02 545.5 548.5 0.022 220 0.3 0.1 131 36 120 39 2 2 1.8 5.0 50 0.01
KL46-02 548.5 551.5 0.0328 328 0.2 0.5 110 36 110 33 1 1 1.6 3.1 43 0.01
KL46-02 551.5 554.5 0.0064 64 0.05 0.1 103 41 46 11 0.01 1 1.1 2.3 25 0.01
KL46-02 554.5 557.5 0.0061 61 0.08 0.1 77 43 34 9 1 1 1.6 2.6 38 0.01
KL46-02 557.5 560.5 0.0201 201 0.11 0.5 144 39 60 20 6 1 1.5 4.2 35 0.01
KL46-02 560.5 563 0.0066 66 0.05 0.1 99 19 18 12 0.01 1 0.6 2.6 22 0.01
KL46-02 563 566.1 0.023 230 0.11 0.1 225 54 70 32 5 3 1.6 5.2 32 0.01



Appendix V - 433 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-02 566.1 568 0.0026 26 0.03 0.1 36 17 10 6 0.01 1 0.5 1.4 12 0.01
KL46-02 568 571 0.0088 88 0.08 0.1 78 27 64 16 0.01 2 1.3 3.1 33 0.01
KL46-02 571 573.8 0.0031 31 0.08 0.6 100 37 73 9 0.01 2 1.7 4.2 43 0.12
KL46-02 573.8 574.8 0.0064 64 0.13 0.6 88 60 34 7 0.01 1 1.5 1.7 19 0.01
KL46-02 574.8 577.9 0.0009 9 0.03 4.6 920 1130 22 4 0.01 1 7 1.3 18 0.01
KL46-02 577.9 580.8 0.0005 5 0.07 0.1 55 32 22 4 0.01 1 0.7 1.5 21 0.01
KL46-02 580.8 582.7 0.0104 104 0.02 0.6 69 35 33 18 0.01 1 0.6 1.4 29 0.01
KL46-02 582.7 584.5 0.001 10 0.01 0.1 35 18 20 3 0.01 1 0.4 0.8 18 0.01
KL46-02 584.5 587.5 0.0029 29 0.02 0.1 42 18 17 4 0.01 1 0.3 1.1 18 0.01
KL46-02 587.5 590.5 0.0011 11 0.01 0.1 31 21 12 5 0.01 1 0.5 1.2 20 0.01
KL46-02 590.5 593.5 0.0005 5 0.01 0.1 16 12 9 5 0.01 1 0.2 0.6 17 0.01
KL46-02 593.5 596.5 0.0207 207 0.17 0.5 89 39 36 29 1 1 2.5 2.7 33 0.01
KL46-02 596.5 599.5 0.0042 42 0.11 1.1 63 470 28 14 0.01 1 2.9 6.0 27 0.01
KL46-02 599.5 602.5 0.0029 29 0.02 0.1 17 29 6 5 0.01 1 0.3 1.5 24 0.01
KL46-02 602.5 605.5 0.0022 22 0.01 0.1 38 15 4 3 0.01 1 0.2 1.1 24 0.01
KL46-02 605.5 608.5 0.003 30 0.02 0.1 80 17 8 2 0.01 1 0.5 2.8 22 0.01
KL46-02 608.5 611.5 0.0027 27 0.02 0.1 74 19 13 3 0.01 1 1.5 1.6 22 0.01
KL46-02 611.5 613.5 0.0057 57 0.01 1.7 92 23 19 2 0.01 1 1.8 2.6 21 0.01
KL46-02 613.5 616.6 0.0073 73 0.02 0.1 112 29 17 4 0.01 1 1.5 2.4 20 0.01
KL46-02 616.6 619.7 0.006 60 0.05 0.1 79 31 32 15 0.01 1 1.5 3.2 43 0.01
KL46-02 619.7 622.8 0.02 200 0.12 0.1 80 28 41 55 0.01 1 2.3 1.3 48 0.01
KL46-02 622.8 625.9 0.0018 18 0.02 0.1 26 16 13 2 0.01 1 0.3 0.6 29 0.01
KL46-02 625.9 629 0.001 10 0.01 0.1 10 12 10 3 0.01 1 0.2 1.0 23 0.01
KL46-02 629 632.1 0.0007 7 0.01 0.1 15 10 10 4 0.01 1 0.3 0.8 22 0.01
KL46-02 632.1 635.2 0.0021 21 0.06 1.2 24 32 25 5 0.01 1 6.2 1.5 21 0.01
KL46-02 635.2 637.6 0.0015 15 0.13 0.1 119 221 32 2 0.01 1 0.5 1.0 9 0.01
KL46-02 637.6 638.4 0.0009 9 0.01 0.1 22 18 4 1 0.01 1 0.3 0.8 14 0.01
KL46-02 638.4 641.4 0.0023 23 0.46 0.6 74 24 35 6 0.01 1 3.8 3.3 22 0.1
KL46-02 641.4 643.9 0.0008 8 0.01 0.1 172 230 6 3 0.01 1 0.3 1.5 17 0.01
KL46-02 643.9 644.5 0.0009 9 0.01 0.1 16 18 3 7 0.01 1 0.5 1.5 13 0.01
KL46-02 644.5 647.5 0.0006 6 0.01 0.1 34 14 4 3 0.01 1 0.2 1.1 15 0.01
KL46-02 647.5 650.5 0.0006 6 0.01 0.1 27 19 5 3 0.01 1 0.3 0.5 14 0.01
KL46-02 650.5 653.5 0.0009 9 0.01 0.1 32 18 4 2 0.01 1 0.2 1.3 14 0.01
KL46-02 653.5 656.5 0.0006 6 0.01 0.1 26 20 4 2 0.01 1 0.01 0.6 14 0.01
KL46-02 656.5 659.5 0.0004 4 0.01 0.1 24 13 4 1 0.01 1 0.2 0.8 18 0.01
KL46-02 659.5 662.5 0.0006 6 0.01 0.1 50 20 4 1 0.01 1 0.01 0.8 18 0.01
KL46-02 662.5 665.5 0.0004 4 0.04 0.1 61 20 8 1 0.01 1 0.2 1.4 12 0.01
KL46-03 0 3 0.009 90 0.01 0.1 21 16 2 3 0.01 1 0.3 0.0 17 0.01
KL46-03 3 6 0.0048 48 0.01 0.1 27 16 11 3 0.01 1 0.3 0.7 23 0.01
KL46-03 6 8.7 0.0034 34 0.01 0.1 41 11 12 2 0.01 1 0.3 1.2 21 0.01
KL46-03 8.7 10 0.0035 35 0.01 0.1 19 10 10 4 0.01 1 0.2 0.8 27 0.01
KL46-03 10 13 0.0008 8 0.01 0.1 20 13 12 3 0.01 1 0.01 0.0 22 0.01
KL46-03 13 16 0.0007 7 0.01 0.1 37 10 20 2 0.01 1 0.3 0.9 16 0.1
KL46-03 16 19 0.0017 17 0.01 0.1 33 12 30 4 0.01 1 0.5 1.4 21 0.21
KL46-03 19 22 0.0023 23 0.01 0.1 18 13 20 4 0.01 1 0.4 1.3 21 0.01
KL46-03 22 25 0.0073 73 0.01 0.1 15 15 10 3 0.01 1 0.5 0.7 14 0.01
KL46-03 25 28 0.0006 6 0.01 0.1 18 15 14 4 0.01 1 0.4 0.9 17 0.01
KL46-03 28 31 0.001 10 0.01 0.1 150 62 17 4 0.01 1 0.6 1.5 22 0.01
KL46-03 31 34 0.0007 7 0.02 0.1 19 18 14 4 0.01 1 0.6 1.4 16 0.15
KL46-03 34 37 0.0009 9 0.01 0.1 21 15 16 5 0.01 1 0.5 1.0 23 0.01
KL46-03 37 40 0.0008 8 0.01 0.1 25 17 18 5 0.01 1 0.4 1.1 19 0.01
KL46-03 40 43 0.0004 4 0.01 0.1 16 16 11 2 0.01 1 0.3 0.5 18 0.01
KL46-03 43 46 0.0003 3 0.01 0.1 12 12 10 3 0.01 1 0.3 0.0 19 0.01
KL46-03 46 49 0.0061 61 0.05 0.1 18 21 18 3 0.01 1 0.4 1.1 19 0.24
KL46-03 49 52 0.0006 6 0.01 0.1 23 15 9 1 0.01 1 0.6 1.4 16 0.1
KL46-03 52 55 0.0012 12 0.01 0.1 31 14 7 1 0.01 1 0.3 0.9 18 0.01
KL46-03 55 58 0.0002 2 0.01 0.1 16 13 10 3 0.01 1 0.6 0.6 32 0.01
KL46-03 58 61 0.0005 5 0.01 0.1 47 25 13 2 0.01 1 0.4 1.5 26 0.01
KL46-03 61 63.8 0.0005 5 0.01 0.1 17 15 11 1 0.01 1 0.6 0.8 19 0.01
KL46-03 63.8 66.9 0.0003 3 0.01 0.1 10 13 10 2 0.01 1 0.2 1.0 20 0.01
KL46-03 66.9 70 0.0003 3 0.01 0.1 18 14 17 1 0.01 1 0.2 1.0 17 0.01
KL46-03 70 73 0.0007 7 0.01 0.1 39 23 14 3 0.01 2 0.4 1.5 26 0.01
KL46-03 73 76 0.0004 4 0.01 0.6 26 26 18 2 0.01 2 0.4 1.0 32 0.01



Appendix V - 434 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-03 76 79 0.0003 3 0.01 1.7 25 24 21 3 0.01 2 0.5 1.2 32 0.01
KL46-03 79 82 0.0015 15 0.01 0.1 40 23 14 3 0.01 1 0.5 0.8 34 0.01
KL46-03 82 85 0.0002 2 0.01 0.1 26 19 6 2 0.01 1 0.2 0.0 31 0.01
KL46-03 85 88 0.0003 3 0.01 0.1 96 21 4 1 0.01 1 0.2 1.2 24 0.01
KL46-03 88 91 0.0133 133 0.01 8.8 13300 3300 17 2 0.01 1 8.6 5.0 29 0.01
KL46-03 91 94 0.0013 13 0.01 0.1 100 41 13 2 0.01 1 0.3 0.9 24 0.1
KL46-03 94 96.6 0.0014 14 0.01 0.6 60 35 17 2 0.01 1 0.4 1.3 28 0.1
KL46-03 96.6 99.6 0.0019 19 0.01 0.1 22 21 17 4 0.01 1 0.4 1.3 28 0.01
KL46-03 99.6 102.7 0.0004 4 0.12 0.1 50 31 77 1 0.01 1 1 1.0 23 0.1
KL46-03 102.7 105.8 0.0007 7 0.14 0.6 76 100 100 1 0.01 1 1.6 1.4 27 0.22
KL46-03 105.8 108.9 0.0007 7 0.28 0.5 110 170 73 1 0.01 1 2.1 0.7 31 0.26
KL46-03 108.9 112 0.011 110 0.28 0.7 241 84 100 1 2 1 3.9 10.8 56 0.65
KL46-03 112 115 0.0032 32 0.16 0.1 174 63 52 1 1 1 1.8 3.2 25 0.19
KL46-03 115 118 0.0108 108 0.08 0.1 142 42 50 1 1 2 1.9 2.2 31 0.01
KL46-03 118 121 0.0121 121 0.04 0.1 65 36 21 1 78 1 1.7 8.3 34 0.01
KL46-03 121 124 0.001 10 0.6 0.6 203 70 230 2 4 3 2.4 3.9 60 0.26
KL46-03 124 127 0.0019 19 1.52 1.1 430 189 770 1 6 4 3.5 9.8 68 0.76
KL46-03 127 130 0.0017 17 0.34 0.1 104 35 170 7 1 3 2.4 2.3 68 0.42
KL46-03 130 133 0.0065 65 0.17 1.9 130 77 91 8 2 7 2 3.0 83 0.48
KL46-03 133 136 0.0035 35 0.07 3.9 34 60 68 2 1 7 1.5 2.8 50 0.12
KL46-03 136 139 0.062 620 0.91 12.9 1240 530 310 39 18 8 24 14.0 63 9.7
KL46-03 139 142 0.5 5000 1.26 259 18900 9200 1730 252 168 12 70 128.0 40 21
KL46-03 142 145 0.06 600 0.71 9.5 2670 430 250 89 61 7 24 17.7 29 5.91
KL46-03 145 148 0.193 1930 0.7 10.6 1990 327 700 87 43 7 78 9.5 23 3.94
KL46-03 148 151 0.0082 82 0.13 0.5 82 36 41 13 2 2 2.6 2.7 17 0.42
KL46-03 151 154 0.0156 156 0.05 1 268 56 57 14 4 3 2.3 2.8 13 0.39
KL46-03 154 157 0.0048 48 0.07 0.9 410 201 21 5 2 1 2.3 4.0 10 0.22
KL46-03 157 158.9 0.0242 242 0.18 0.9 99 38 130 104 66 3 3.9 3.0 61 0.51
KL46-03 158.9 161.4 0.0058 58 2.42 6.3 1750 1680 500 2360 180 7 19 18.3 148 1.56
KL46-03 161.4 163 0.0134 134 5.51 10.3 5300 5800 470 73 17 3 20.3 18.0 124 1.21
KL46-03 163 166 0.0023 23 0.59 0.7 216 225 72 10 2 2 2.5 1.8 131 0.41
KL46-03 166 169 0.0022 22 0.42 0.8 79 48 73 11 2 2 2.5 2.1 166 0.55
KL46-03 169 172 0.0027 27 3.04 2.5 163 274 370 104 25 4 16.8 6.0 142 2.91
KL46-03 172 175 0.0027 27 10.2 2.9 450 254 1340 1090 43 6 32 8.3 125 11.3
KL46-03 175 178 0.0012 12 1.04 1.6 1020 710 510 450 1 5 16.3 4.8 142 5.54
KL46-03 178 181 0.0019 19 0.35 0.7 182 134 310 132 0.01 4 8.2 2.2 238 2.95
KL46-03 181 184 0.0016 16 0.2 0.6 156 130 300 61 0.01 3 11.5 3.0 133 2.51
KL46-03 184 186.3 0.007 70 0.04 1.2 303 249 44 37 2 3 2.6 1.4 194 0.51
KL46-03 186.3 189.4 0.0013 13 0.02 0.1 170 91 69 40 0.01 2 2.1 1.0 158 0.32
KL46-03 189.4 191 0.0034 34 0.09 1.3 620 356 53 27 0.01 3 3.8 0.7 263 0.12
KL46-03 191 193 0.0013 13 0.03 0.6 186 114 150 110 0.01 3 3.5 1.7 150 0.37
KL46-03 193 196 0.0014 14 0.01 0.8 520 272 170 104 0.01 4 4.7 1.3 160 0.38
KL46-03 196 199 0.001 10 0.01 0.8 620 361 150 122 0.01 4 4.7 1.3 122 0.4
KL46-03 199 200.8 0.0011 11 0.01 0.1 147 70 160 187 1 3 3.2 1.5 154 0.36
KL46-03 200.8 202 0.0009 9 0.03 0.9 430 209 66 120 0.01 2 2.3 1.0 134 0.24
KL46-03 202 205 0.0013 13 0.09 0.8 510 229 330 211 4 5 8.1 2.8 139 0.66
KL46-03 205 208 0.0115 115 0.08 0.6 136 49 430 188 101 4 7.2 3.8 87 0.36
KL46-03 208 211 0.0051 51 0.07 0.5 156 90 400 745 78 4 4.5 3.3 116 0.01
KL46-03 211 214 0.012 120 0.19 1.3 346 119 210 276 35 3 3.8 2.1 36 0.1
KL46-03 214 217 0.162 1620 0.67 13.5 4240 1610 180 195 160 20 7.4 19.8 52 0.1
KL46-03 217 220 0.0075 75 0.09 2.4 580 660 26 9 7 3 1 3.9 23 0.01
KL46-03 220 223 0.007 70 0.07 2.3 1640 1150 26 4 1 2 1.9 4.0 19 0.1
KL46-03 223 226 0.0018 18 0.04 1.9 270 770 23 3 1 1 1.5 3.3 18 0.1
KL46-03 226 229 0.0035 35 0.21 3.2 1390 1100 53 9 3 1 4.9 4.8 39 0.18
KL46-03 229 232 0.014 140 0.57 6.9 6300 2300 120 43 32 2 12.8 28.5 62 0.37
KL46-03 232 235 0.0019 19 0.11 1.6 1280 820 31 3 2 1 4.7 1.6 21 0.2
KL46-03 235 238 0.0025 25 0.13 1.1 680 154 45 8 4 1 4.9 3.8 34 0.1
KL46-03 238 241 0.0018 18 0.33 0.7 690 356 53 8 4 2 6.9 2.5 28 0.34
KL46-03 241 244 0.0023 23 0.13 1.2 1440 950 28 5 5 1 3.5 5.0 24 0.17
KL46-03 244 247 0.0081 81 0.11 1.1 1880 1390 33 5 3 1 5.3 6.3 25 0.01
KL46-03 247 250 0.0048 48 0.14 6 3200 8200 42 18 0.01 1 11 39.5 41 0.16
KL46-03 250 252 0.0031 31 0.2 1.6 880 490 47 7 6 1 4.5 5.4 24 0.18
KL46-03 252 254 0.0018 18 0.36 1.6 480 285 31 3 2 1 5.1 5.3 27 0.17



Appendix V - 435 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-03 254 257 0.0017 17 0.21 1.7 670 590 27 5 2 1 3.8 4.0 27 0.12
KL46-03 257 259 0.0011 11 0.05 0.9 241 140 14 2 2 1 1.3 2.5 20 0.01
KL46-03 259 262 0.0029 29 0.1 1.9 660 395 27 7 4 1 2.3 5.1 21 0.01
KL46-03 262 263 0.0012 12 0.05 1.4 158 144 17 2 2 1 1.3 1.1 21 0.01
KL46-03 263 266.5 0.0022 22 0.1 1.4 127 102 26 5 2 1 2 1.4 23 0.1
KL46-03 266.5 268 0.0019 19 0.16 1.8 550 388 34 4 2 1 3.4 6.3 26 0.01
KL46-03 268 271 0.0024 24 0.19 1.9 840 1030 31 4 3 1 4.7 7.1 25 0.1
KL46-03 271 274 0.0026 26 0.26 1.7 640 680 52 5 5 2 6.1 4.4 21 0.01
KL46-03 274 277 0.008 80 0.27 2 1370 960 41 4 3 1 12.1 3.8 18 0.37
KL46-03 277 280 0.0351 351 0.59 9.8 13800 14000 110 10 2 1 20.3 41.5 20 0.28
KL46-03 280 283 0.0029 29 0.35 2.3 1200 1680 31 4 0.01 1 5.8 9.5 19 0.11
KL46-03 283 286 0.0093 93 0.36 13.4 6100 7800 63 16 13 1 12.7 64.2 25 0.15
KL46-03 286 289 0.0027 27 0.28 1.1 391 193 30 11 0.01 1 2 4.4 26 0.01
KL46-03 289 292 0.0024 24 0.2 0.5 630 126 26 6 0.01 1 2.1 2.2 19 0.01
KL46-03 292 293.5 0.0006 6 0.06 0.1 109 98 10 1 0.01 1 0.5 0.0 11 0.01
KL46-03 293.5 296.5 0.0007 7 0.08 0.1 80 57 13 2 0.01 1 0.7 1.4 15 0.17
KL46-03 296.5 298.3 0.0071 71 0.49 3.2 580 230 230 25 0.01 7 9.9 12.3 60 0.55
KL46-03 298.3 301 0.0018 18 0.06 1 520 460 22 4 1 1 1.5 1.4 17 0.01
KL46-03 301 304 0.0104 104 0.07 1.2 780 790 51 13 2 1 2.6 2.7 17 0.1
KL46-03 304 307 0.0056 56 0.07 0.1 570 258 31 10 0.01 1 1.4 3.6 15 0.15
KL46-03 307 310 0.0025 25 0.18 0.1 177 85 52 7 0.01 1 2.7 1.5 23 0.27
KL46-03 310 313 0.001 10 0.08 0.1 187 79 29 7 0.01 1 1.4 2.7 18 0.16
KL46-03 313 316 0.0047 47 0.06 0.1 480 142 22 13 1 1 1.6 1.7 9 0.1
KL46-03 316 319 0.0073 73 0.18 0.8 670 301 31 40 2 1 5.5 6.5 17 0.31
KL46-03 319 322 0.0039 39 0.34 0.6 326 123 55 57 1 1 6 2.8 26 0.24
KL46-03 322 325 0.0219 219 0.28 2.4 5800 2600 110 65 3 3 7.9 34.3 24 0.13
KL46-03 325 328 0.0343 343 0.27 1.5 1100 550 72 55 6 2 7.2 19.1 31 0.45
KL46-03 328 331 0.015 150 0.24 0.9 900 349 78 47 4 1 5.2 9.9 39 0.4
KL46-03 331 334 0.0026 26 0.16 0.7 740 600 48 8 0.01 1 3.3 8.0 28 0.27
KL46-03 334 337 0.0056 56 0.1 2.9 1260 2520 53 7 2 1 5.4 18.4 35 0.21
KL46-03 337 340 0.0014 14 0.05 0.1 140 107 24 2 0.01 1 1.5 3.0 23 0.12
KL46-03 340 343 0.0049 49 0.09 2.5 3430 2240 30 12 21 1 2.5 55.5 31 0.1
KL46-03 343 346 0.0006 6 0.03 0.1 57 46 9 1 0.01 1 0.5 1.8 18 0.01
KL46-03 346 349 0.0005 5 0.01 0.1 28 14 17 1 0.01 1 0.6 0.0 11 0.01
KL46-03 349 352 0.0005 5 0.02 0.1 86 15 15 1 0.01 1 0.6 0.8 12 0.01
KL46-03 352 355 0.0016 16 0.01 0.1 27 17 19 2 0.01 1 0.5 0.9 13 0.01
KL46-03 355 358 0.0061 61 0.04 0.1 59 15 57 6 0.01 1 0.7 0.0 20 0.01
KL46-03 358 361 0.0009 9 0.01 0.1 26 12 6 1 0.01 1 0.2 0.0 13 0.01
KL46-03 361 364 0.0007 7 0.01 0.1 41 17 18 1 0.01 1 0.4 0.5 12 0.01
KL46-03 364 367 0.0008 8 0.02 0.1 63 25 3 1 0.01 1 0.3 0.7 13 0.01
KL46-03 367 370 0.0005 5 0.01 0.1 43 32 18 1 0.01 1 0.4 1.0 16 0.01
KL46-03 370 373 0.0006 6 0.01 0.1 23 15 7 1 0.01 1 0.3 0.6 13 0.01
KL46-03 373 376 0.0008 8 0.01 0.1 18 8 12 1 0.01 1 0.3 0.0 12 0.01
KL46-03 376 379 0.0018 18 0.01 0.1 21 9 9 1 0.01 1 0.2 0.5 14 0.01
KL46-03 379 382 0.0004 4 0.01 0.1 14 6 12 1 0.01 1 0.4 0.0 17 0.01
KL46-03 382 385 0.0009 9 0.01 0.1 24 9 13 3 0.01 1 0.3 0.7 13 0.01
KL46-03 385 387.1 0.0052 52 0.01 0.1 28 7 34 8 0.01 1 0.2 0.0 19 0.01
KL46-03 387.1 390.2 0.0005 5 0.01 0.1 26 22 20 2 0.01 1 0.2 0.8 14 0.01
KL46-03 390.2 393.3 0.0039 39 0.05 0.1 30 15 51 4 0.01 1 0.4 0.8 20 0.01
KL46-03 393.3 396.4 0.0019 19 0.03 0.1 27 14 26 1 0.01 1 0.8 0.5 16 0.01
KL46-03 396.4 399.5 0.0027 27 0.01 0.1 32 11 13 3 0.01 1 0.01 0.0 13 0.01
KL46-03 399.5 402.6 0.0398 398 0.07 0.1 80 15 50 157 41 1 0.4 1.8 26 0.01
KL46-03 402.6 405.7 0.0369 369 0.04 0.1 46 16 42 54 11 1 0.3 1.0 35 0.01
KL46-03 405.7 408.8 0.0148 148 0.03 0.1 48 17 68 11 1 1 0.5 0.0 33 0.01
KL46-03 408.8 411.9 0.0109 109 0.03 0.1 43 14 50 7 1 1 0.4 0.0 20 0.01
KL46-03 411.9 415 0.0091 91 0.02 0.1 45 18 52 7 1 1 0.01 0.0 29 0.01
KL46-03 415 418 0.0125 125 0.04 0.1 48 17 48 7 1 1 0.2 0.0 20 0.01
KL46-03 418 421 0.0266 266 0.07 0.1 56 19 66 53 4 1 0.6 0.5 26 0.01
KL46-03 421 424 0.0138 138 0.05 0.1 67 74 69 34 1 1 0.5 0.8 26 0.01
KL46-03 424 427 0.0041 41 0.01 0.1 38 19 50 7 0.01 1 0.3 0.0 19 0.01
KL46-03 427 430 0.0057 57 0.02 0.1 43 19 43 6 0.01 1 0.4 0.0 24 0.01
KL46-03 430 433 0.0099 99 0.03 0.1 68 18 85 8 2 3 0.4 0.0 35 0.01
KL46-03 433 436 0.0126 126 0.05 0.1 59 22 110 8 4 2 0.6 0.0 36 0.01



Appendix V - 436 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-03 436 439 0.0108 108 0.05 0.1 52 18 120 5 1 3 0.6 0.0 32 0.01
KL46-03 439 442 0.0104 104 0.07 0.1 83 22 140 10 2 4 1 0.6 52 0.01
KL46-03 442 445 0.0056 56 0.04 0.1 36 19 78 5 0.01 1 0.6 0.0 25 0.01
KL46-03 445 448 0.0034 34 0.03 0.1 35 16 110 5 0.01 1 0.6 0.0 22 0.01
KL46-03 448 451 0.0018 18 0.03 0.1 33 15 81 4 0.01 1 0.6 0.5 29 0.1
KL46-03 451 454 0.0037 37 0.1 0.1 45 20 70 4 0.01 1 0.5 0.5 21 0.1
KL46-03 454 457 0.0041 41 0.05 0.1 48 19 47 12 0.01 1 0.5 0.0 26 0.01
KL46-03 457 460 0.0011 11 0.01 0.1 26 21 30 4 0.01 1 0.5 0.9 18 0.01
KL46-03 460 463 0.0041 41 0.01 0.1 27 31 48 5 0.01 1 0.3 0.0 15 0.01
KL46-03 463 466 0.0036 36 0.01 0.1 31 20 30 4 0.01 1 0.2 0.0 11 0.01
KL46-03 466 469 0.0018 18 0.01 0.1 15 14 11 2 0.01 1 0.01 0.7 6 0.01
KL46-03 469 472 0.0024 24 0.01 0.1 26 16 35 4 0.01 1 0.4 0.6 13 0.01
KL46-03 472 475 0.001 10 0.01 0.1 39 19 27 7 0.01 1 0.4 0.6 16 0.01
KL46-03 475 478 0.0006 6 0.01 0.1 24 16 38 2 0.01 1 0.9 0.0 16 0.01
KL46-03 478 481 0.0014 14 0.02 0.1 25 16 50 3 0.01 1 0.6 1.0 15 0.01
KL46-03 481 484 0.0048 48 0.03 0.1 59 17 55 3 0.01 1 0.5 0.9 20 0.01
KL46-03 484 487 0.065 650 0.71 0.1 32 18 52 4 0.01 2 0.4 1.9 19 0.01
KL46-03 487 489.2 1.11 11100 4.2 4.6 116 24 120 10 9 21 2 14.8 43 0.01
KL46-03 489.2 492.3 0.064 640 0.13 0.1 34 16 84 125 0.01 1 1.5 1.4 24 0.1
KL46-03 492.3 495.4 0.2 2000 0.33 1.5 113 35 200 470 36 12 4.4 4.3 69 0.18
KL46-03 495.4 498.5 0.0238 238 0.96 0.9 1150 398 160 930 65 10 4.7 4.9 94 0.38
KL46-03 498.5 501.5 0.0065 65 0.13 0.1 68 20 180 620 2 5 3.1 1.3 94 0.11
KL46-03 501.5 503.2 0.019 190 0.16 0.1 102 16 190 1100 1 13 4.9 1.6 45 0.12
KL46-03 503.2 505 0.105 1050 0.11 0.7 74 15 100 113 3 1 1.3 2.5 21 0.14
KL46-03 505 508 0.0146 146 0.05 0.1 98 82 100 27 1 1 1.5 1.4 23 0.1
KL46-03 508 511 0.148 1480 0.09 0.8 118 10 160 1080 2 10 2.3 3.1 90 0.01
KL46-03 511 514 0.0224 224 0.12 0.1 97 12 81 2270 2 7 3 3.8 128 0.1
KL46-03 514 517 0.158 1580 0.24 1 104 21 220 2875 9 6 3.5 4.6 77 0.14
KL46-03 517 520 0.346 3460 0.41 6 1710 101 140 980 4 14 4.2 3.8 80 0.13
KL46-03 520 523 0.011 110 0.31 0.1 176 16 87 36 0.01 2 4.7 6.3 85 0.4
KL46-03 523 526 0.0053 53 0.09 0.1 37 15 33 29 0.01 1 2.6 3.5 28 0.11
KL46-03 526 529 0.071 710 0.09 0.7 240 24 84 13 0.01 3 2.3 2.8 43 0.01
KL46-03 529 532 0.0122 122 0.02 0.1 52 17 8 23 0.01 1 0.5 1.4 34 0.01
KL46-03 532 535 0.204 2040 0.05 0.6 102 22 35 8 2 1 1 3.2 20 0.01
KL46-03 535 538 0.005 50 0.19 0.1 73 10 71 4 1 1 2.9 3.6 27 0.15
KL46-03 538 541 0.0071 71 0.02 0.1 69 11 23 2 1 1 1.1 3.5 15 0.01
KL46-03 541 543 0.0056 56 0.05 0.1 26 14 36 9 1 1 1 1.2 13 0.01
KL46-03 543 547 0.0037 37 0.04 0.1 42 10 35 88 1 1 1.4 1.2 42 0.01
KL46-03 547 549 0.0063 63 0.11 0.1 38 8 54 106 1 4 1.8 0.7 83 0.01
KL46-03 549 551 0.0068 68 0.08 0.1 28 8 37 44 1 7 1.5 0.6 114 0.01
KL46-03 551 553 0.0073 73 0.06 0.1 36 12 27 6 2 1 1 0.7 124 0.01
KL46-03 553 556 0.0098 98 0.32 0.5 290 31 67 28 17 1 3.2 3.9 134 0.01
KL46-03 556 559 0.048 480 1.6 10.5 4300 1380 320 31 140 1 12.5 8.8 109 0.13
KL46-03 559 562 0.0178 178 0.07 0.1 38 12 44 7 1 1 1.3 1.2 142 0.01
KL46-03 562 564 0.0074 74 0.27 1.4 710 109 120 41 22 4 2.8 7.3 132 0.01
KL46-03 564 565.8 0.0112 112 0.07 0.1 48 19 61 9 1 1 1.6 1.5 113 0.01
KL46-04 0 3.5 0.039 390 0.01 0.1 34 14 6 8 0.01 1 0.3 1.9 43 0.01
KL46-04 3.5 6.5 0.0078 78 0.05 0.1 28 17 5 4 0.01 1 0.4 1.5 24 0.01
KL46-04 6.5 9.5 0.0068 68 0.02 0.1 60 38 4 5 0.01 1 1.2 1.4 28 0.01
KL46-04 9.5 12.5 0.0062 62 0.04 0.1 48 31 8 5 0.01 1 1.1 1.2 26 0.01
KL46-04 12.5 15.5 0.004 40 0.22 0.7 66 27 17 2 0.01 1 1.6 1.2 28 0.55
KL46-04 15.5 18.5 0.0041 41 0.06 0.1 79 28 16 10 0.01 1 2 1.6 40 0.1
KL46-04 18.5 21.5 0.0036 36 0.04 0.1 56 21 15 9 0.01 1 1.2 1.2 45 0.01
KL46-04 21.5 24.5 0.0016 16 0.01 0.1 21 11 9 3 0.01 1 0.3 0.6 42 0.01
KL46-04 24.5 27.5 0.0013 13 0.01 0.1 52 16 13 2 0.01 1 0.5 1.3 20 0.01
KL46-04 27.5 30.5 0.009 90 0.04 0.1 28 23 14 4 0.01 1 0.9 1.1 37 0.16
KL46-04 30.5 33.5 0.0317 317 0.14 1.6 1080 123 120 13 3 2 8.2 5.4 62 0.21
KL46-04 33.5 36.5 0.0013 13 0.01 0.1 51 33 24 5 1 2 2.2 2.2 25 0.1
KL46-04 36.5 39.5 0.0038 38 0.04 0.1 26 26 21 3 0.01 1 1.1 1.4 35 0.11
KL46-04 39.5 42.5 0.0033 33 0.04 0.1 54 24 9 3 0.01 1 0.6 1.4 25 0.01
KL46-04 42.5 45.5 0.0006 6 0.01 0.1 16 17 5 3 0.01 1 0.2 0.5 20 0.01
KL46-04 45.5 48.5 0.0039 39 0.03 0.1 51 20 4 2 0.01 1 0.4 1.1 24 0.1
KL46-04 48.5 50.6 0.0012 12 0.01 0.1 55 34 6 1 0.01 1 0.9 0.6 17 0.22



Appendix V - 437 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-04 50.6 53.7 0.002 20 0.23 0.8 172 69 14 3 0.01 1 4.5 3.1 25 0.15
KL46-04 53.7 56.8 0.0011 11 0.19 0.8 820 173 37 2 0.01 1 1.9 3.1 24 0.8
KL46-04 56.8 59.9 0.0012 12 0.05 0.1 34 36 17 3 0.01 1 0.9 1.3 37 0.14
KL46-04 59.9 63 0.0014 14 0.06 0.1 48 25 11 4 0.01 1 0.9 1.4 31 0.14
KL46-04 63 66 0.0009 9 0.09 0.1 202 46 6 2 0.01 1 1.3 2.3 27 0.29
KL46-04 66 69.2 0.0017 17 0.13 0.1 13 14 4 3 0.01 1 0.4 1.4 29 0.12
KL46-04 69.2 72.3 0.0021 21 0.18 0.7 73 36 18 3 0.01 1 1.7 3.2 31 0.24
KL46-04 72.3 75.4 0.001 10 0.1 0.6 341 82 11 2 0.01 1 1.8 2.6 24 0.53
KL46-04 75.4 78.5 0.0073 73 0.11 0.1 118 48 15 22 0.01 1 3.2 2.2 31 0.2
KL46-04 78.5 81.5 0.0009 9 0.04 0.1 20 17 12 7 0.01 1 0.7 1.3 34 0.25
KL46-04 81.5 84.5 0.0018 18 0.05 0.1 32 19 11 19 0.01 1 1 1.4 26 0.32
KL46-04 84.5 87.5 0.0167 167 0.09 0.1 28 16 12 4 0.01 1 0.6 1.6 48 0.27
KL46-04 87.5 90.5 0.0011 11 0.12 0.1 76 22 35 4 0.01 1 1.1 1.9 37 0.5
KL46-04 90.5 93.5 0.0007 7 0.13 0.1 56 22 46 2 0.01 1 1.2 1.8 50 0.45
KL46-04 93.5 95.4 0.0362 362 0.12 2 1250 135 130 16 3 2 9.2 6.8 83 0.21
KL46-04 95.4 97.8 0.0012 12 0.13 0.1 29 20 16 2 0.01 1 0.9 1.6 32 0.22
KL46-04 97.8 99.2 0.0009 9 0.17 0.1 45 27 12 1 0.01 1 1.9 1.9 27 0.26
KL46-04 99.2 102.3 0.0016 16 0.08 0.1 87 32 15 4 0.01 1 1.9 2.0 46 0.18
KL46-04 102.3 105.4 0.0065 65 0.15 3.3 1850 1240 73 3 0.01 1 7.4 8.1 30 0.47
KL46-04 105.4 108.5 0.0016 16 0.21 0.1 100 77 44 3 0.01 2 2 3.6 28 0.49
KL46-04 108.5 111.5 0.0006 6 0.01 0.1 18 20 6 2 0.01 1 0.6 2.6 22 0.01
KL46-04 111.5 114.5 0.0011 11 0.01 0.1 49 29 7 2 0.01 1 1.9 2.1 36 0.01
KL46-04 114.5 117.5 0.001 10 0.01 0.1 48 33 5 3 0.01 1 0.5 1.5 37 0.01
KL46-04 117.5 120.5 0.0037 37 0.01 0.1 111 25 13 4 0.01 1 0.8 1.0 29 0.01
KL46-04 120.5 123.5 0.021 210 0.06 1.2 1710 78 100 12 2 1 6.3 4.6 41 0.14
KL46-04 123.5 126.5 0.0013 13 0.01 0.1 46 19 8 7 0.01 1 1 1.6 22 0.01
KL46-04 126.5 129.5 0.0076 76 0.03 0.1 219 37 27 6 0.01 1 2.4 1.5 30 0.01
KL46-04 129.5 132.5 0.001 10 0.01 0.1 16 16 3 3 0.01 1 0.3 0.8 22 0.01
KL46-04 132.5 135.5 0.0035 35 0.1 0.1 299 109 41 76 5 3 3.4 3.1 48 0.1
KL46-04 135.5 138.5 0.003 30 0.15 0.1 69 34 30 5 0.01 2 2.4 1.7 37 0.36
KL46-04 138.5 141.5 0.002 20 0.02 1.1 180 450 38 3 2 1 2.7 14.0 36 0.1
KL46-04 141.5 144.5 0.0009 9 0.01 0.1 145 156 44 6 0.01 1 3.8 3.6 53 0.23
KL46-04 144.5 147.5 0.0026 26 0.12 0.1 64 32 28 4 0.01 2 2.3 2.3 41 0.32
KL46-04 147.5 150.5 0.0009 9 0.06 0.1 73 34 47 3 1 3 2.6 3.7 63 0.15
KL46-04 150.5 152.2 0.0042 42 0.07 0.1 36 28 28 5 1 5 1.7 3.4 110 0.01
KL46-04 152.2 155 0.068 680 0.18 20.4 44000 19600 73 18 14 4 16.5 314.0 38 0.15
KL46-04 155 157.3 0.0043 43 0.07 0.1 154 106 23 31 3 7 2 3.0 66 0.01
KL46-04 157.3 158.6 0.0218 218 0.14 7.8 4600 2900 96 53 46 1 16 58.0 48 0.2
KL46-04 158.6 161.7 0.181 1810 0.52 9.6 6000 520 780 65 16 4 55 28.0 130 0.72
KL46-04 161.7 163.6 0.0312 312 0.45 6.7 1480 710 220 18 28 1 60 8.6 181 0.72
KL46-04 163.6 166.7 0.0154 154 0.84 3.8 296 222 480 162 44 3 56 8.5 73 1
KL46-04 166.7 168.5 0.0025 25 0.19 1 195 136 110 52 8 2 7.6 2.5 76 0.13
KL46-04 168.5 171.5 0.0048 48 0.6 1.5 1400 353 210 500 34 3 24 5.8 86 0.28
KL46-04 171.5 174.5 0.0019 19 0.16 0.1 324 98 66 82 3 1 4.1 2.0 110 0.1
KL46-04 174.5 177.5 0.0096 96 0.14 0.6 112 63 70 29 6 3 8.6 1.8 221 0.1
KL46-04 177.5 180 0.0017 17 0.07 0.1 60 27 61 30 0.01 2 4.2 0.0 90 0.01
KL46-04 180 182.9 0.0016 16 0.11 0.1 126 37 150 27 2 2 6.4 1.1 50 0.12
KL46-04 182.9 186 0.0017 17 0.09 0.1 63 21 51 5 6 2 2.1 0.0 206 0.01
KL46-04 186 189.1 0.0415 415 0.65 2.6 710 321 330 1140 6 7 9.5 6.8 42 0.3
KL46-04 189.1 192.2 0.0019 19 0.35 0.1 148 40 190 85 8 3 4.1 1.9 200 0.12
KL46-04 192.2 194 0.0025 25 0.34 0.1 110 36 140 109 0.01 2 3.8 1.2 127 0.2
KL46-04 194 197 0.0021 21 0.2 0.7 208 56 150 112 2 3 3.3 1.0 51 0.13
KL46-04 197 198.5 0.143 1430 0.34 8.2 9200 460 400 95 1 3 26.5 21.5 49 0.5
KL46-04 198.5 200.7 0.0028 28 0.86 1.1 284 126 310 1180 3 3 6.5 4.7 47 0.32
KL46-04 200.7 203.2 0.0018 18 0.06 0.1 76 28 56 15 6 3 3.3 0.6 114 0.01
KL46-04 203.2 204.5 0.0048 48 0.47 1.1 620 219 300 900 3 7 11.1 9.1 38 0.4
KL46-04 204.5 207.5 0.0145 145 1.11 4.6 1600 1140 440 1170 11 7 16.6 10.4 128 0.72
KL46-04 207.5 210.5 0.3 3000 1 38 40000 14200 1670 1150 150 12 155 55.0 88 2.21
KL46-04 210.5 212.8 0.0076 76 0.13 4.5 2100 910 95 180 28 2 8 11.4 65 0.11
KL46-04 212.8 215.9 0.0025 25 0.05 0.6 138 119 26 6 3 1 3.1 3.2 30 0.01
KL46-04 215.9 219 0.0029 29 0.14 0.7 980 235 38 13 1 1 4 2.6 26 0.14
KL46-04 219 222.1 0.0065 65 0.14 0.6 143 93 92 35 6 1 8 2.0 173 0.16
KL46-04 222.1 225.2 0.0047 47 0.17 0.6 650 115 73 57 6 1 4.5 2.7 37 0.16



Appendix V - 438 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-04 225.2 227.6 0.0016 16 0.04 0.1 163 138 25 18 2 1 2.7 1.7 23 0.01
KL46-04 227.6 229.2 0.01 100 0.14 2.3 660 560 76 8 10 1 30 5.3 80 0.23
KL46-04 229.2 230.9 0.0071 71 0.05 1.6 303 220 32 2 14 1 4.4 5.5 23 0.01
KL46-04 230.9 232 0.0022 22 0.04 2.1 530 1790 15 6 3 1 4.6 7.0 21 0.01
KL46-04 232 234 0.0018 18 0.03 2.2 590 2300 9 6 4 1 4.2 9.6 18 0.01
KL46-04 234 237.2 0.0112 112 0.04 0.1 347 54 48 5 1 1 2.6 2.3 37 0.01
KL46-04 237.2 240.2 0.0022 22 0.06 0.6 148 178 31 5 3 1 2.5 1.5 21 0.01
KL46-04 240.2 243.3 0.0018 18 0.06 0.1 195 258 22 12 2 1 2.5 1.5 12 0.01
KL46-04 243.3 245.7 0.007 70 0.05 1.5 420 398 59 5 8 1 8.8 4.3 28 0.01
KL46-04 245.7 248.3 0.0361 361 0.06 2.3 146 207 130 6 2 1 18.9 2.9 25 0.13
KL46-04 248.3 251.3 0.0038 38 0.05 0.8 135 139 18 5 7 1 3 2.1 21 0.01
KL46-04 251.3 253 0.0015 15 0.01 0.1 80 104 9 2 2 1 1.2 1.4 23 0.01
KL46-04 253 255 0.0017 17 0.09 0.1 179 56 37 42 2 1 3.3 1.8 65 0.1
KL46-04 255 257.6 0.174 1740 0.07 7.6 318 156 650 14 9 2 46 3.4 25 0.47
KL46-04 257.6 260.7 0.0023 23 0.04 0.1 73 117 23 22 2 2 1.4 2.4 22 0.01
KL46-04 260.7 262 0.006 60 0.05 0.1 81 216 25 5 1 1 3.3 2.3 24 0.01
KL46-04 262 265 0.0049 49 0.09 0.1 490 248 20 19 2 1 4.4 2.1 13 0.01
KL46-04 265 266.9 0.0311 311 0.29 1.2 2070 364 120 70 12 2 20 4.0 20 0.13
KL46-04 266.9 270 0.0055 55 0.09 0.6 173 118 49 6 5 1 3.4 1.4 31 0.1
KL46-04 270 273.1 0.0023 23 0.05 1 304 630 20 4 4 1 2.1 6.2 29 0.01
KL46-04 273.1 276 0.0011 11 0.03 0.1 77 126 13 6 2 1 1 1.7 25 0.01
KL46-04 276 278.1 0.0039 39 0.04 0.1 90 75 12 7 4 1 2.2 1.2 23 0.01
KL46-04 278.1 279.5 0.0011 11 0.04 0.1 194 112 15 11 2 1 1.5 1.6 27 0.01
KL46-04 279.5 282.6 0.0012 12 0.02 0.1 56 41 6 4 0.01 1 0.6 0.7 21 0.01
KL46-04 282.6 285.5 0.0011 11 0.04 0.1 192 155 9 5 3 1 1.6 1.9 15 0.01
KL46-04 285.5 288 0.0015 15 0.04 0.9 334 460 6 17 3 1 2.8 3.7 15 0.01
KL46-04 288 291.1 0.0015 15 0.01 1.3 390 1140 6 9 3 1 0.01 0.0 14 0.01
KL46-04 291.1 293.7 0.0017 17 0.02 0.1 810 406 3 7 1 1 2.9 1.9 10 0.01
KL46-04 293.7 296.1 0.0016 16 0.03 0.8 396 960 9 9 2 1 2.5 2.9 10 0.01
KL46-04 296.1 298.4 0.0041 41 0.03 0.7 880 860 10 15 2 1 4.4 2.9 16 0.01
KL46-04 298.4 300.5 0.0023 23 0.02 24.4 2190 35800 8 6 0.01 1 35.8 3.0 18 0.01
KL46-04 300.5 303.5 0.0057 57 0.04 1 960 1290 25 15 2 1 5.1 3.3 18 0.01
KL46-04 303.5 306.2 0.0027 27 0.04 0.1 218 620 21 5 1 1 3.3 1.9 17 0.01
KL46-04 306.2 307.2 0.0012 12 0.03 0.5 267 770 36 12 3 1 2.9 2.0 48 0.01
KL46-04 307.2 309.5 0.0017 17 0.02 1.6 670 960 7 13 7 1 3.1 9.1 11 0.01
KL46-04 309.5 311.1 0.0012 12 0.03 0.1 336 500 9 16 0.01 1 2.5 1.4 9 0.01
KL46-04 311.1 312.5 0.0015 15 0.02 0.1 305 336 6 6 0.01 1 2.2 1.6 11 0.01
KL46-04 312.5 315.4 0.0083 83 0.19 7.7 372 4030 97 29 31 1 26.3 50.0 30 0.01
KL46-04 315.4 318.5 0.0022 22 0.05 1 84 143 21 5 8 1 1.9 2.4 22 0.01
KL46-04 318.5 321.4 0.0016 16 0.02 0.1 177 313 12 4 5 1 2.1 1.5 15 0.01
KL46-04 321.4 324.5 0.0012 12 0.01 0.1 246 400 2 4 0.01 1 1.9 1.0 8 0.01
KL46-04 324.5 327.5 0.0013 13 0.01 0.1 297 314 6 5 0.01 1 1.9 1.3 12 0.01
KL46-04 327.5 330.5 0.24 2400 0.08 3.7 5110 660 800 34 28 5 106 3.7 22 0.3
KL46-04 330.5 333.5 0.0145 145 0.04 0.1 760 650 62 8 2 1 8.6 2.2 13 0.1
KL46-04 333.5 336.5 0.0324 324 0.23 1.2 3560 1570 180 7 1 3 18.9 7.3 9 0.25
KL46-04 336.5 338.9 0.0077 77 0.08 5.3 6800 8700 35 5 1 1 16 12.4 21 0.13
KL46-04 338.9 342 0.0077 77 0.08 5.3 6800 8700 35 5 1 1 16 12.4 21 0.13
KL46-04 342 345.1 0.0048 48 0.02 0.6 5240 1400 32 3 1 1 7.5 4.5 24 0.01
KL46-04 345.1 348.2 0.0032 32 0.08 2.3 5180 5400 46 9 1 1 10.1 8.4 16 0.19
KL46-04 348.2 351.3 0.0035 35 0.06 0.1 1240 530 36 5 0.01 1 3.3 3.4 16 0.01
KL46-04 351.3 354.4 0.0074 74 0.11 0.1 1090 382 61 8 0.01 1 3.2 2.4 17 0.16
KL46-04 354.4 357.5 0.0039 39 0.16 0.1 1040 186 72 9 1 3 3.8 2.3 24 0.1
KL46-04 357.5 360.5 0.0043 43 0.08 0.1 1140 550 72 11 1 2 5 1.9 16 0.1
KL46-04 360.5 363.5 0.0019 19 0.07 0.1 890 123 57 6 0.01 1 2.6 1.4 15 0.01
KL46-04 363.5 366.5 0.0047 47 0.05 0.1 2140 399 39 8 1 1 4 1.7 13 0.01
KL46-04 366.5 369.5 0.0047 47 0.05 0.1 2140 399 39 8 1 1 4 1.7 13 0.01
KL46-04 369.5 372.5 0.0049 49 0.13 0.1 1430 203 110 4 1 2 5.3 2.9 15 0.25
KL46-04 372.5 375.5 0.0061 61 0.08 1.1 7000 1410 28 7 3 1 1.8 3.3 12 0.1
KL46-04 375.5 378.5 0.0059 59 0.19 0.1 1540 283 52 11 0.01 1 4.2 2.1 16 0.18
KL46-04 378.5 381.5 0.0058 58 0.04 0.1 540 176 28 5 0.01 1 1.4 1.9 10 0.01
KL46-04 381.5 384.5 0.0102 102 0.24 0.1 1260 369 140 12 0.01 3 7.6 3.7 20 0.27
KL46-04 384.5 387.5 0.0084 84 0.1 0.1 560 194 38 6 0.01 1 3.8 1.3 11 0.19
KL46-04 387.5 390.5 0.007 70 0.08 0.1 700 181 27 6 1 2 3.2 1.8 12 0.18



Appendix V - 439 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-04 390.5 393.5 0.0014 14 0.07 0.1 850 72 42 3 0.01 1 4.2 1.3 16 0.23
KL46-04 393.5 396.5 0.0074 74 0.05 2.4 7900 4900 35 4 5 1 15.3 18.5 11 0.29
KL46-04 396.5 399.5 0.0071 71 0.08 0.1 1020 141 28 6 2 2 2.6 1.1 13 0.16
KL46-04 399.5 402.4 0.0039 39 0.03 0.7 1730 1610 25 2 0.01 1 9 4.7 11 0.1
KL46-04 402.4 405.5 0.0032 32 0.07 0.1 2150 229 40 3 0.01 1 3.8 3.3 16 0.11
KL46-04 405.5 408.5 0.0011 11 0.05 0.1 1580 243 29 3 0.01 1 3.9 2.0 13 0.1
KL46-04 408.5 411.5 0.0019 19 0.05 0.1 1020 343 12 6 0.01 1 1.7 1.3 14 0.01
KL46-04 411.5 414.5 0.0014 14 0.11 0.1 520 180 42 6 0.01 2 2.4 2.2 19 0.01
KL46-04 414.5 417 0.0187 187 0.05 0.1 278 82 19 6 0.01 1 0.9 1.6 11 0.01
KL46-04 417 420.1 0.0018 18 0.06 0.1 1040 161 22 8 0.01 1 1.2 1.8 7 0.1
KL46-04 420.1 422 0.0061 61 0.09 0.1 1840 108 37 7 0.01 1 3.7 0.8 15 0.16
KL46-04 422 423.5 0.082 820 0.16 1.3 1580 520 330 21 2 7 38 5.0 33 0.79
KL46-04 423.5 426.3 0.22 2200 0.34 3.5 5940 1600 880 49 3 15 51 5.3 45 1.77
KL46-04 426.3 429.4 0.147 1470 0.5 1.7 8000 510 520 630 0.01 8 23 2.8 66 1.51
KL46-04 429.4 432.5 0.0122 122 0.1 0.1 900 77 51 1180 0.01 4 3 1.8 100 0.17
KL46-04 432.5 435.5 0.0132 132 0.16 0.5 352 51 68 1240 0.01 4 4.6 1.1 106 0.22
KL46-04 435.5 438.5 0.011 110 0.13 0.1 293 45 63 980 0.01 6 2 1.1 72 0.11
KL46-04 438.5 441.5 0.0104 104 0.08 0.1 430 76 64 310 0.01 3 2 1.2 70 0.1
KL46-04 441.5 444.5 0.149 1490 0.1 0.1 145 40 41 136 0.01 2 2.1 1.6 63 0.01
KL46-04 444.5 447.5 0.0355 355 0.03 0.1 160 18 20 89 0.01 7 0.4 1.0 23 0.01
KL46-04 447.5 450.5 0.3 3000 0.17 0.9 650 408 410 118 1 4 43 3.6 40 0.19
KL46-04 450.5 452.8 0.126 1260 0.05 0.8 410 90 25 25 0.01 6 3.1 1.8 36 0.01
KL46-04 452.8 455.9 0.24 2400 0.14 0.9 1850 315 560 22 2 4 40 4.4 36 0.01
KL46-04 455.9 459 0.047 470 0.03 0.1 1060 93 58 90 0.01 2 2.6 2.2 53 0.01
KL46-04 459 462.1 0.26 2600 0.15 0.5 194 22 10 24 0.01 4 0.3 2.2 16 0.01
KL46-04 462.1 465.2 0.44 4400 0.16 2.4 78 35 10 37 6 16 1.3 8.5 97 0.01
KL46-04 465.2 468.3 0.148 1480 0.06 0.5 141 34 15 147 0.01 3 0.6 1.2 38 0.01
KL46-04 468.3 471.4 0.3 3000 0.16 1.5 770 335 320 121 2 6 35 2.4 47 0.12
KL46-04 471.4 474.5 0.148 1480 0.09 0.5 214 51 82 17 1 3 3.9 1.3 23 0.1
KL46-04 474.5 477.5 0.21 2100 0.11 0.7 267 22 18 16 0.01 4 0.7 2.2 22 0.01
KL46-04 477.5 480.5 0.09 900 0.05 0.1 38 19 8 16 0.01 3 0.2 1.1 20 0.01
KL46-04 480.5 483.5 0.127 1270 0.04 0.6 261 29 49 159 0.01 4 1.3 1.9 47 0.01
KL46-04 483.5 486.5 0.156 1560 0.05 0.7 117 11 10 153 0.01 5 0.01 1.6 16 0.01
KL46-04 486.5 489.5 0.181 1810 0.14 0.7 251 12 13 7 0.01 4 0.7 1.7 24 0.01
KL46-04 489.5 492.5 0.28 2800 0.16 1.6 226 41 52 4 3 6 1 2.9 32 0.01
KL46-04 492.5 495.5 0.83 8300 0.47 1.1 1030 218 1140 8 0.01 10 19.1 16.0 83 0.41
KL46-04 495.5 498.5 0.8 8000 0.8 1.6 80 20 23 255 2 5 1.7 6.3 27 0.01
KL46-04 498.5 501.5 0.9 9000 0.57 1.1 308 96 100 70 0.01 13 1.5 9.8 68 0.01
KL46-04 501.5 504.5 0.96 9600 0.76 1.1 570 59 230 25 0.01 9 2.5 10.3 43 0.01
KL46-04 504.5 507.5 0.27 2700 0.28 0.9 590 450 190 39 1 7 35 3.3 52 0.33
KL46-04 507.5 510.5 0.5 5000 0.25 0.6 181 37 25 13 0.01 8 1 3.7 32 0.01
KL46-04 510.5 513.5 0.42 4200 0.16 0.5 95 20 12 6 0.01 9 1 3.5 30 0.01
KL46-04 513.5 515.6 0.176 1760 0.14 0.1 25 13 3 15 0.01 2 0.3 1.5 12 0.01
KL46-04 515.6 518 0.0226 226 0.04 0.1 72 34 9 9 0.01 1 0.6 0.8 32 0.01
KL46-04 518 519.5 0.52 5200 0.34 1 1290 400 1370 91 4 11 20.8 6.2 64 0.26
KL46-04 519.5 521.7 0.046 460 0.33 0.5 2660 520 140 68 0.01 8 3.3 10.7 74 0.14
KL46-04 521.7 522.9 0.109 1090 0.06 0.1 95 63 16 14 0.01 5 1.3 2.1 75 0.01
KL46-04 522.9 524 0.75 7500 0.53 1.1 375 204 69 21 0.01 15 14.1 7.5 60 0.13
KL46-04 524 525.3 0.56 5600 0.15 0.1 136 29 16 6 0.01 15 0.3 4.3 27 0.01
KL46-04 525.3 528.4 1.2 12000 0.55 1.4 266 35 10 3 1 24 0.5 10.3 23 0.01
KL46-04 528.4 530.7 0.82 8200 0.53 0.9 394 203 65 18 0.01 18 11.6 8.8 56 0.15
KL46-04 530.7 533.8 1.1 11000 0.49 1.5 247 127 20 14 0.01 21 1.2 10.0 23 0.01
KL46-04 533.8 535.9 0.36 3600 1.34 0.9 1220 202 190 14 1 20 5.7 9.8 21 0.11
KL46-04 535.9 537.5 1.23 12300 0.45 1.3 328 34 2 1 1 19 0.2 12.5 28 0.01
KL46-04 537.5 540.5 1.35 13500 0.6 0.9 149 28 0.01 2 0.01 19 0.01 8.0 28 0.01
KL46-04 540.5 543.5 1.49 14900 0.62 1.4 113 16 4 1 0.01 16 0.01 10.5 32 0.01
KL46-04 543.5 546.5 1.07 10700 0.69 1.3 500 50 170 14 0.01 9 1.3 8.0 55 0.01
KL46-04 546.5 549.5 0.363 3630 0.17 1.6 950 82 280 45 3 14 15.3 5.5 71 0.01
KL46-04 549.5 552.5 4.35 43500 1.76 3.6 227 94 3 2 0.01 23 0.01 16.0 32 0.01
KL46-04 552.5 555.5 1.62 16200 0.68 1.3 243 35 10 13 0.01 16 0.4 10.0 36 0.01
KL46-04 555.5 558.5 1.97 19700 0.74 1.9 143 33 3 1 0.01 26 0.01 15.0 23 0.01
KL46-04 558.5 561.5 2.23 22300 0.94 2.5 132 175 13 3 0.01 26 0.2 20.0 34 0.01
KL46-04 561.5 564.5 1.14 11400 0.31 1.8 182 173 2 23 1 27 0.7 13.0 32 0.01



Appendix V - 440 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-04 564.5 567.5 1.78 17800 0.93 5.2 194 60 1 4 8 29 0.3 17.0 33 0.01
KL46-04 567.5 570.5 2.94 29400 1.47 3.4 180 123 1 3 0.01 22 0.2 21.0 37 0.01
KL46-04 570.5 573.5 1.28 12800 0.61 2.1 118 105 6 1 0.01 24 0.6 18.8 87 0.01
KL46-04 573.5 576.5 1.65 16500 0.69 1.8 147 363 2 19 1 20 0.6 8.5 33 0.01
KL46-04 576.5 579.5 2.86 28600 0.89 2.4 148 26 1 4 0.01 31 0.3 14.0 30 0.01
KL46-04 579.5 582.5 0.9 9000 0.47 0.8 162 33 0.01 7 0.01 26 0.5 4.5 21 0.01
KL46-04 582.5 585.5 1.61 16100 0.87 1.7 125 37 0.01 3 0.01 30 0.4 8.5 17 0.01
KL46-04 585.5 588.5 2.95 29500 2.81 3.2 208 27 0.01 91 0.01 31 0.3 7.5 32 0.01
KL46-04 588.5 591.5 2.73 27300 1.07 2.4 336 33 1 4 0.01 60 0.2 20.0 32 0.01
KL46-04 591.5 594.5 1.07 10700 0.53 1.7 302 96 36 3 0.01 22 1.3 9.0 31 0.01
KL46-04 594.5 597.5 2.28 22800 1.21 3.2 540 37 2 11 0.01 63 0.7 13.0 47 0.01
KL46-04 597.5 600.5 2.46 24600 0.92 2.8 192 35 3 198 0.01 96 0.6 11.0 35 0.01
KL46-04 600.5 603.5 1.42 14200 0.52 1.9 316 90 2 41 0.01 84 0.8 4.0 47 0.01
KL46-04 603.5 605.6 2.54 25400 1.25 3.3 560 35 5 8 0.01 59 0.6 16.0 42 0.01
KL46-04 605.6 607.2 2.31 23100 1.33 3.5 530 39 16 108 1 48 0.5 19.0 123 0.01
KL46-04 607.2 609.2 0.72 7200 0.12 1.1 142 44 4 190 0.01 9 0.4 4.5 66 0.01
KL46-04 609.2 610.6 0.95 9500 0.4 1.4 202 25 13 107 0.01 10 0.3 5.8 90 0.01
KL46-04 610.6 612.5 2.33 23300 0.62 7.5 920 62 21 420 0.01 15 1.2 11.0 76 0.01
KL46-04 612.5 615.5 1.46 14600 0.54 3.1 460 30 17 310 0.01 15 0.5 8.5 112 0.01
KL46-04 615.5 618.5 0.075 750 0.08 0.1 43 23 13 16 0.01 2 1.3 1.3 28 0.01
KL46-04 618.5 621.5 0.491 4910 0.18 1.2 187 36 11 91 1 10 0.2 5.5 108 0.01
KL46-04 621.5 624.5 0.72 7200 0.27 1.7 272 72 6 138 1 20 0.2 4.8 109 0.01
KL46-04 624.5 627.5 1.15 11500 0.27 3.2 410 73 11 289 2 16 0.7 5.5 104 0.01
KL46-04 627.5 630.5 0.84 8400 0.18 3.1 278 43 22 127 3 12 2.8 5.0 80 0.01
KL46-04 630.5 633.4 1.24 12400 0.39 3.6 100 26 21 520 6 12 1.3 6.5 124 0.01
KL46-04 633.4 636.5 0.85 8500 0.27 2.6 186 23 8 262 0.01 14 7.5 7.5 116 0.01
KL46-04 636.5 639.5 0.62 6200 0.13 2 147 27 7 420 1 11 1.1 4.5 103 0.01
KL46-04 639.5 642.5 0.465 4650 0.1 1.7 158 45 8 223 1 11 1.4 4.8 79 0.01
KL46-04 642.5 645.5 0.7 7000 0.11 2.4 248 29 17 59 1 10 1.7 4.8 85 0.01
KL46-04 645.5 648.5 1.51 15100 0.5 2.5 440 29 10 196 1 16 0.3 9.0 75 0.01
KL46-04 648.5 651.5 0.483 4830 0.1 1.5 352 263 24 98 5 10 1 5.5 53 0.01
KL46-04 651.5 654.5 1.31 13100 0.48 1.9 380 34 11 170 1 13 0.4 6.0 84 0.01
KL46-04 654.5 657.5 0.82 8200 0.4 2.6 530 166 31 254 5 12 1 4.0 73 0.01
KL46-04 657.5 660.5 0.62 6200 0.35 2.2 396 186 10 241 2 13 0.9 3.3 81 0.01
KL46-04 660.5 663.5 0.9 9000 0.24 3.9 234 38 15 392 2 17 1.8 8.5 99 0.01
KL46-04 663.5 666.5 0.89 8900 0.24 4 240 42 19 219 3 14 2.4 6.0 80 0.01
KL46-04 666.5 669.5 0.48 4800 0.29 2.2 182 23 12 49 2 17 0.4 2.8 103 0.01
KL46-04 669.5 672.5 0.325 3250 0.12 2 109 52 9 112 2 11 1.1 3.0 91 0.01
KL46-04 672.5 675.5 0.22 2200 0.1 2 406 287 43 213 8 8 0.8 8.5 63 0.01
KL46-04 675.5 678.5 0.371 3710 0.1 2.1 186 135 54 114 4 8 0.9 7.8 74 0.01
KL46-04 678.5 681.5 0.359 3590 0.22 2.5 670 111 13 121 8 8 0.6 3.7 77 0.01
KL46-04 681.5 684.5 0.33 3300 0.33 3.4 460 241 17 47 15 10 1 5.3 80 0.01
KL46-04 684.5 685.9 0.393 3930 0.43 1.7 128 51 22 30 14 11 1.6 8.0 90 0.01
KL46-04 685.9 687.5 1.2 12000 0.7 4.7 103 28 20 20 9 12 0.6 17.0 49 0.11
KL46-04 687.5 690.5 0.392 3920 0.13 1.4 151 40 110 82 10 11 3 23.0 34 0.1
KL46-04 690.5 693.5 0.058 580 0.16 0.7 192 63 93 9 10 14 1.8 21.8 26 0.1
KL46-04 693.5 696.5 1.3 13000 0.37 5.7 215 77 64 46 16 17 2.2 28.0 131 0.43
KL46-04 696.5 699.5 2.03 20300 0.56 2.5 207 73 21 64 3 20 0.6 28.0 92 0.19
KL46-04 699.5 702.5 1.02 10200 0.36 2.8 117 42 58 129 1 14 37 11.0 96 0.3
KL46-04 702.5 705.5 0.68 6800 0.1 2.6 135 60 190 25 2 8 46 13.8 224 0.26
KL46-04 705.5 708.5 0.083 830 0.04 1.1 90 64 42 103 1 10 15.8 17.4 42 0.1
KL46-04 708.5 711.5 0.22 2200 0.06 1.1 65 22 14 57 0.01 12 5.7 8.3 80 0.01
KL46-04 711.5 714.5 0.0376 376 0.01 0.7 47 23 15 14 0.01 4 10.8 2.3 212 0.01
KL46-04 714.5 717.5 0.132 1320 0.03 0.9 42 22 46 33 0.01 4 13.2 6.5 262 0.12
KL46-04 717.5 720.5 0.057 570 0.02 0.7 25 20 27 20 1 10 7.3 5.5 180 0.01
KL46-04 720.5 723.5 0.093 930 0.02 1 74 40 33 65 0.01 7 8.2 5.5 233 0.01
KL46-04 723.5 726.5 0.084 840 0.02 0.5 65 29 12 34 0.01 6 2 7.0 117 0.01
KL46-04 726.5 729.5 0.057 570 0.02 1.4 254 100 50 97 1 8 18.8 7.6 161 0.11
KL46-04 729.5 731.7 0.082 820 0.08 9 1210 1040 63 15 0.01 3 38 2.4 161 0.22
KL46-04 731.7 734.8 0.0208 208 0.02 20.7 225 80 17 29 1 5 0.3 6.0 170 0.01
KL46-04 734.8 737.9 0.075 750 0.01 0.5 42 32 10 33 0.01 9 0.7 4.0 228 0.01
KL46-04 737.9 741 0.27 2700 0.04 1.1 77 40 13 60 2 20 1.4 9.8 182 0.01
KL46-04 741 744 0.137 1370 0.02 0.5 55 39 7 25 1 11 0.4 4.5 83 0.01



Appendix V - 441 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-04 744 747.1 0.356 3560 0.06 1.1 48 32 9 28 3 6 1.8 3.5 113 0.01
KL46-04 747.1 750.2 0.209 2090 0.07 1.1 174 78 200 35 3 10 22.3 9.5 176 0.01
KL46-04 750.2 753.3 0.153 1530 0.03 1 347 161 120 7 3 6 2.2 3.5 137 0.15
KL46-04 753.3 756.4 0.23 2300 0.08 0.7 107 56 7 29 0.01 4 0.2 3.0 162 0.01
KL46-04 756.4 759.5 0.67 6700 0.31 2.1 120 41 23 42 1 7 1 6.5 218 0.01
KL46-04 759.5 762.5 0.275 2750 0.09 1.2 152 68 12 60 1 6 0.6 3.5 250 0.01
KL46-04 762.5 765.5 0.464 4640 0.11 1.7 260 116 32 165 3 20 1.1 7.0 185 0.01
KL46-04 765.5 768.5 0.297 2970 0.08 0.9 52 30 5 41 2 11 0.8 5.8 159 0.01
KL46-04 768.5 771.5 0.22 2200 0.05 1.1 33 17 2 19 1 7 0.4 3.2 174 0.01
KL46-04 771.5 774.5 0.201 2010 0.02 1.5 132 167 28 59 2 7 6.6 3.7 220 0.01
KL46-05 0 2.3 0.0024 24 0.01 0.1 43 32 7 2 0.01 1 0.3 1.5 16 0.01
KL46-05 2.3 5.3 0.0041 41 0.01 0.1 64 18 6 2 0.01 1 0.5 0.7 19 0.01
KL46-05 5.3 8.3 0.0022 22 0.01 0.1 72 16 12 3 0.01 1 0.7 1.2 21 0.01
KL46-05 8.3 11.3 0.0021 21 0.01 0.1 75 26 17 5 0.01 1 0.9 1.5 21 0.01
KL46-05 11.3 14.3 0.0083 83 0.01 0.1 45 10 16 3 0.01 1 0.7 0.7 23 0.01
KL46-05 14.3 17.3 0.0012 12 0.01 0.1 71 82 14 2 0.01 1 0.8 1.7 21 0.1
KL46-05 17.3 20.3 0.0036 36 0.01 0.1 57 29 13 2 0.01 1 1 1.2 16 0.01
KL46-05 20.3 23.3 0.0008 8 0.01 0.1 49 15 7 2 0.01 1 0.7 0.7 27 0.01
KL46-05 23.3 26.3 0.0017 17 0.01 0.1 85 51 4 1 0.01 1 0.5 0.0 15 0.01
KL46-05 26.3 29.3 0.0016 16 0.01 0.1 52 16 4 1 0.01 1 0.6 0.0 17 0.01
KL46-05 29.3 32.3 0.0025 25 0.01 0.1 160 50 11 1 0.01 1 0.9 0.6 24 0.01
KL46-05 32.3 35.3 0.0018 18 0.01 0.1 165 21 4 2 0.01 1 0.7 0.0 13 0.01
KL46-05 35.3 38.3 0.0127 127 0.01 0.1 163 50 14 1 0.01 1 1 0.8 15 0.01
KL46-05 38.3 41.3 0.0137 137 0.01 0.1 297 89 18 1 0.01 1 1.6 1.0 15 0.01
KL46-05 41.3 44.3 0.0013 13 0.01 0.1 120 44 8 1 0.01 1 0.9 0.8 18 0.01
KL46-05 44.3 47.3 0.0017 17 0.01 0.5 239 102 18 1 0.01 1 1.4 1.8 45 0.01
KL46-05 47.3 50.3 0.0034 34 0.01 0.5 540 151 17 1 0.01 1 2.5 0.9 18 0.1
KL46-05 50.3 53.3 0.0017 17 0.01 0.1 80 21 13 1 0.01 1 2 1.5 27 0.01
KL46-05 53.3 55.7 0.001 10 0.01 0.8 64 20 10 1 0.01 1 1.1 1.4 29 0.15
KL46-05 55.7 58.8 0.0046 46 0.01 0.1 177 63 10 10 0.01 1 1.2 1.3 24 0.13
KL46-05 58.8 61.7 0.001 10 0.01 0.1 72 18 16 1 0.01 1 1.1 1.3 23 0.01
KL46-05 61.7 64.2 0.0009 9 0.01 0.1 126 23 20 1 0.01 1 0.8 0.6 25 0.01
KL46-05 64.2 65.3 0.014 140 0.02 2.1 520 93 41 4 0.01 1 2.4 4.1 41 0.53
KL46-05 65.3 68.3 0.0014 14 0.01 1.3 94 30 30 2 0.01 1 1.7 2.0 30 0.34
KL46-05 68.3 71.3 0.0129 129 0.01 0.9 125 47 18 3 0.01 1 1.1 1.4 22 0.18
KL46-05 71.3 74.3 0.0042 42 0.02 0.6 64 16 17 3 0.01 1 0.9 1.3 21 0.15
KL46-05 74.3 77.3 0.0252 252 0.01 0.1 46 35 12 4 0.01 1 1 1.6 29 0.01
KL46-05 77.3 80.3 0.0025 25 0.01 0.1 73 48 16 3 0.01 1 0.9 1.0 17 0.01
KL46-05 80.3 83.3 0.0032 32 0.05 0.1 94 28 26 7 0.01 1 1.9 2.6 26 0.41
KL46-05 83.3 86.3 0.0025 25 0.07 0.1 44 19 14 3 0.01 1 1.1 1.1 23 0.2
KL46-05 86.3 89.3 0.0026 26 0.03 0.1 34 12 15 2 0.01 1 1 1.4 24 0.2
KL46-05 89.3 92.3 0.0031 31 0.04 0.1 43 14 17 4 0.01 1 0.8 0.9 21 0.15
KL46-05 92.3 95.3 0.003 30 0.09 0.7 53 18 23 5 0.01 2 1.3 1.2 23 0.38
KL46-05 95.3 98.3 0.03 300 0.07 0.8 302 46 37 5 0.01 3 2 1.7 22 0.24
KL46-05 98.3 101.3 0.0148 148 0.06 0.7 148 28 35 4 0.01 1 2 1.3 21 0.27
KL46-05 101.3 104.3 0.0042 42 0.02 0.1 37 11 16 2 0.01 1 0.7 0.8 21 0.1
KL46-05 104.3 107.3 0.003 30 0.04 0.1 39 13 11 2 0.01 1 0.8 0.9 21 0.17
KL46-05 107.3 110.3 0.0037 37 0.03 0.1 37 14 15 2 0.01 1 0.7 0.9 22 0.11
KL46-05 110.3 113.3 0.0033 33 0.05 0.1 43 11 19 4 0.01 1 1 0.9 21 0.26
KL46-05 113.3 115.8 0.0153 153 0.03 0.1 59 24 18 7 0.01 1 1 0.8 24 0.13
KL46-05 115.8 118.9 0.0037 37 0.02 0.1 69 29 23 3 0.01 1 0.7 1.0 21 0.15
KL46-05 118.9 122 0.0046 46 0.05 0.1 114 39 13 3 0.01 1 0.9 1.2 21 0.27
KL46-05 122 125.1 0.0034 34 0.01 0.1 30 12 11 2 0.01 1 0.5 0.0 20 0.01
KL46-05 125.1 128.2 0.0041 41 0.04 0.6 55 16 23 2 0.01 1 1.2 1.4 20 0.11
KL46-05 128.2 131.3 0.0041 41 0.02 0.1 69 32 20 3 0.01 1 1 0.9 20 0.1
KL46-05 131.3 133.7 0.0174 174 0.06 2.3 290 38 28 2 0.01 1 1.9 1.7 19 0.25
KL46-05 133.7 136.8 0.008 80 0.05 1.8 202 28 18 2 0.01 1 1.6 1.5 20 0.22
KL46-05 136.8 139.7 0.0024 24 0.03 0.1 62 30 12 3 0.01 1 0.9 0.8 19 0.1
KL46-05 139.7 141.1 0.0027 27 0.04 0.1 54 37 12 3 0.01 1 1.2 0.9 15 0.13
KL46-05 141.1 143.3 0.0035 35 0.03 0.1 76 57 15 2 0.01 1 4.1 0.9 9 0.1
KL46-05 143.3 146.3 0.0108 108 0.03 0.1 83 43 15 3 0.01 1 1.3 1.3 14 0.01
KL46-05 146.3 149.3 0.0008 8 0.02 0.1 88 27 10 1 0.01 1 1 1.5 11 0.01
KL46-05 149.3 152.3 0.0012 12 0.02 0.1 50 16 5 1 0.01 1 0.5 1.2 9 0.01



Appendix V - 442 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-05 152.3 155.3 0.035 350 0.03 0.6 107 35 13 4 0.01 1 1.2 1.7 19 0.1
KL46-05 155.3 158.3 0.0057 57 0.02 0.1 102 58 23 2 0.01 1 1.1 1.5 18 0.01
KL46-05 158.3 160.9 0.001 10 0.03 0.1 112 26 8 2 0.01 1 0.8 1.3 27 0.1
KL46-05 160.9 163.5 0.0168 168 0.04 4.6 640 440 78 4 1 1 7.6 2.0 18 0.14
KL46-05 163.5 166.6 0.0014 14 0.03 0.7 154 168 13 2 0.01 1 1.4 0.9 28 0.1
KL46-05 166.6 169.7 0.0016 16 0.01 0.7 166 80 13 2 0.01 1 1 1.1 29 0.01
KL46-05 169.7 171.1 0.004 40 0.01 0.6 70 78 10 2 0.01 1 1.8 1.0 17 0.1
KL46-05 171.1 173.3 0.0055 55 0.02 0.7 329 327 23 2 0.01 1 1.7 1.4 29 0.13
KL46-05 173.3 175.5 0.198 1980 0.09 29.4 3350 3400 740 4 36 1 46 3.8 38 1.26
KL46-05 175.5 177.5 0.048 480 0.03 6.3 660 600 170 3 8 1 14 1.7 31 0.38
KL46-05 177.5 179.3 0.0093 93 0.01 1.3 207 120 27 2 1 1 3 0.8 26 0.11
KL46-05 179.3 182.3 0.0013 13 0.03 0.1 232 82 22 5 0.01 1 1 1.5 34 0.31
KL46-05 182.3 185.3 0.0012 12 0.01 0.1 650 149 22 3 0.01 1 1.1 1.8 35 0.18
KL46-05 185.3 188.3 0.0137 137 0.02 0.1 460 77 12 3 0.01 1 0.9 1.2 37 0.17
KL46-05 188.3 191.3 0.0137 137 0.01 0.1 100 40 14 3 0.01 1 0.9 1.3 42 0.1
KL46-05 191.3 194.3 0.008 80 0.01 0.1 137 67 22 4 0.01 1 1.9 1.4 58 0.01
KL46-05 194.3 197.3 0.003 30 0.02 0.1 139 53 20 6 0.01 1 1.3 2.1 48 0.17
KL46-05 197.3 200.3 0.0038 38 0.01 0.1 77 26 12 1 0.01 1 2.4 1.5 27 0.01
KL46-05 200.3 203.3 0.0039 39 0.01 0.1 122 51 9 2 0.01 1 0.9 1.2 30 0.01
KL46-05 203.3 206.3 0.0031 31 0.02 0.1 164 43 10 2 0.01 1 1.1 1.4 87 0.11
KL46-05 206.3 208.9 0.0032 32 0.03 0.1 167 40 12 2 0.01 1 1 1.2 94 0.13
KL46-05 208.9 211.6 0.045 450 0.04 0.1 860 190 41 5 0.01 1 1.9 2.3 40 0.01
KL46-05 211.6 214.2 0.0076 76 0.02 0.1 281 83 7 2 0.01 1 0.6 0.5 42 0.01
KL46-05 214.2 215.7 0.0029 29 0.01 0.1 44 26 11 2 0.01 1 0.9 1.0 54 0.01
KL46-05 215.7 218.3 0.0018 18 0.01 0.7 143 480 17 6 0.01 1 2.3 0.7 15 0.01
KL46-05 218.3 221.3 0.0034 34 0.01 0.1 31 12 4 1 0.01 1 0.5 0.7 25 0.01
KL46-05 221.3 224.3 0.0038 38 0.01 0.1 39 12 2 2 0.01 1 0.3 0.5 30 0.01
KL46-05 224.3 227.3 0.0031 31 0.01 0.1 41 18 10 1 0.01 1 0.8 1.1 26 0.01
KL46-05 227.3 230.3 0.0175 175 0.07 1.1 890 380 40 22 0.01 1 40 2.6 79 0.11
KL46-05 230.3 233.3 0.0027 27 0.01 0.1 123 42 15 3 0.01 1 0.9 1.1 33 0.01
KL46-05 233.3 235.6 0.0339 339 0.12 0.7 600 193 23 4 0.01 4 22 1.7 32 0.22
KL46-05 235.6 238.7 0.021 210 0.02 0.1 460 121 14 3 0.01 2 1.1 0.9 31 0.01
KL46-05 238.7 241.8 0.0073 73 0.01 0.1 600 170 7 2 0.01 2 1.3 0.9 32 0.1
KL46-05 241.8 244.8 0.002 20 0.01 0.1 32 34 15 6 0.01 1 0.7 2.6 23 0.01
KL46-05 244.8 248 0.0011 11 0.01 0.1 51 61 16 5 0.01 1 0.7 1.9 16 0.01
KL46-05 248 251.1 0.0023 23 0.01 0.1 173 254 38 4 0.01 3 1.2 0.8 15 0.01
KL46-05 251.1 253.2 0.0018 18 0.01 0.1 130 104 30 4 1 2 2.2 1.3 17 0.01
KL46-05 253.2 254.6 0.0032 32 0.14 1 378 145 33 3 1 8 2.4 5.0 28 0.01
KL46-05 254.6 257.3 0.0017 17 0.01 0.1 124 88 32 5 1 3 2.1 1.3 16 0.01
KL46-05 257.3 260.3 0.0033 33 0.13 0.1 149 50 10 2 0.01 2 0.8 0.7 37 0.12
KL46-05 260.3 263.3 0.0045 45 0.01 0.6 190 218 35 4 3 4 4.8 1.6 28 0.01
KL46-05 263.3 266.3 0.0031 31 0.01 2 358 420 30 1 3 1 1.7 0.0 18 0.01
KL46-05 266.3 269.3 0.0047 47 0.15 2.1 5200 335 83 3 2 1 5.5 2.8 36 0.72
KL46-05 269.3 272.3 0.011 110 0.06 2.4 1370 290 86 3 2 1 11 3.1 21 0.2
KL46-05 272.3 275.3 0.0177 177 0.09 7.1 8200 4500 60 3 7 1 12.3 8.0 11 0.78
KL46-05 275.3 278.3 0.093 930 0.06 1.3 168 118 14 10 1 1 1.8 2.0 28 0.14
KL46-05 278.3 281.3 0.0018 18 0.04 1.5 520 338 23 2 0.01 1 2.2 1.3 14 0.16
KL46-05 281.3 283.9 0.0012 12 0.03 1 339 302 16 2 0.01 1 1.4 1.3 15 0.01
KL46-05 283.9 287 0.0024 24 0.03 0.9 132 116 12 1 0.01 1 1.6 0.8 19 0.01
KL46-05 287 290.1 0.002 20 0.01 2.1 620 371 20 1 0.01 1 2.2 1.5 24 0.01
KL46-05 290.1 293.1 0.0012 12 0.01 1.4 165 177 16 3 0.01 1 1.7 0.9 34 0.01
KL46-05 293.1 296.2 0.0017 17 0.01 1.4 690 660 22 3 0.01 1 2.3 1.8 21 0.01
KL46-05 296.2 299.3 0.0021 21 0.02 1.5 520 440 24 2 0.01 1 2.3 1.0 21 0.01
KL46-05 299.3 302.3 0.0091 91 0.15 3 2200 1800 52 5 0.01 1 12.8 3.7 18 0.68
KL46-05 302.3 305.3 0.0031 31 1.1 1.7 1290 560 40 1 0.01 1 7 2.3 19 0.37
KL46-05 305.3 308.3 0.002 20 4.7 2.3 1670 420 100 5 0.01 1 3.5 4.9 40 0.59
KL46-05 308.3 311.3 0.0025 25 2.56 2.4 1270 240 76 4 0.01 1 3.3 1.8 31 0.38
KL46-05 311.3 314.3 0.0022 22 0.8 1 800 187 28 1 5 1 1.7 2.4 21 0.41
KL46-05 314.3 317.3 0.0017 17 0.04 0.6 126 65 6 1 0.01 1 0.6 0.5 20 0.1
KL46-05 317.3 320.3 0.0019 19 0.01 0.6 158 68 6 1 0.01 1 0.5 0.0 22 0.01
KL46-05 320.3 323.3 0.0026 26 0.02 1.4 256 157 7 1 0.01 1 5.8 1.0 21 0.01
KL46-05 323.3 326.3 0.0031 31 0.02 0.7 189 128 7 1 0.01 1 15.5 0.7 30 0.13
KL46-05 326.3 329.3 0.002 20 0.02 0.1 246 116 5 3 0.01 1 1.4 1.8 21 0.11



Appendix V - 443 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-05 329.3 332.3 0.0011 11 0.01 0.1 115 48 7 2 0.01 1 0.4 0.5 20 0.01
KL46-05 332.3 335.3 0.0019 19 0.01 0.5 175 190 6 1 0.01 1 1.2 0.5 21 0.01
KL46-05 335.3 338.3 0.0011 11 0.01 0.1 176 200 5 1 0.01 1 0.5 0.8 22 0.01
KL46-05 338.3 341.3 0.0008 8 0.01 0.1 48 21 4 1 0.01 1 0.5 0.8 21 0.01
KL46-05 341.3 344.3 0.0176 176 0.1 10.5 8000 12700 85 1 0.01 1 20.5 6.0 25 1.2
KL46-05 344.3 347.3 0.0018 18 0.01 0.1 81 29 4 2 0.01 1 0.2 1.0 23 0.13
KL46-05 347.3 350 0.0014 14 0.01 0.6 61 46 2 1 0.01 1 0.3 1.0 22 0.01
KL46-05 350 353.1 0.0012 12 0.01 0.5 73 33 2 1 0.01 1 0.3 1.5 21 0.01
KL46-05 353.1 356.2 0.0014 14 0.01 0.1 26 25 5 1 0.01 1 0.6 2.0 28 0.01
KL46-05 356.2 359.3 0.0027 27 0.02 0.8 216 254 26 7 2 1 9.2 1.8 16 0.01
KL46-05 359.3 362.3 0.0018 18 0.01 1.1 238 215 27 3 1 1 1.4 1.0 46 0.01
KL46-05 362.3 365.3 0.0018 18 0.01 0.7 113 82 18 2 1 1 1 1.0 34 0.01
KL46-05 365.3 368.3 0.0026 26 0.2 2 259 125 95 3 2 1 3 5.5 31 0.15
KL46-05 368.3 371.3 0.008 80 0.03 0.9 630 270 32 5 1 1 9.8 3.5 27 0.01
KL46-05 371.3 374.3 0.003 30 0.08 1.2 416 165 30 3 0.01 1 3 6.0 31 0.15
KL46-05 374.3 377.3 0.0021 21 0.05 0.5 160 91 17 1 0.01 1 3.8 1.5 24 0.01
KL46-05 377.3 380.3 0.0229 229 1.33 15.6 1870 14800 92 1 36 1 40 74.8 40 1.28
KL46-05 380.3 383.3 0.0043 43 0.02 0.1 126 130 16 1 5 1 1.2 9.8 25 0.01
KL46-05 383.3 386.3 0.108 1080 0.18 3.5 346 530 110 6 48 5 8.8 9.5 69 0.01
KL46-05 386.3 389.3 0.043 430 2.37 1 215 161 24 2 1 4 3 5.0 135 0.16
KL46-05 389.3 392.3 0.0156 156 0.09 1.1 115 58 70 1 6 6 4.5 5.3 73 0.16
KL46-05 392.3 395.3 0.0187 187 0.2 1.3 415 369 72 1 0.01 3 5 3.3 135 0.17
KL46-05 395.3 398.3 0.32 3200 0.64 86 21400 30100 1300 8 11 2 180 20.7 37 5.26
KL46-05 398.3 400.9 0.0024 24 1.43 0.1 19 88 19 1 0.01 3 1.4 4.9 202 0.11
KL46-05 400.9 404.1 0.0038 38 0.01 0.6 113 154 55 2 1 3 1.7 0.8 42 0.01
KL46-05 404.1 407 0.0023 23 0.22 0.7 113 52 26 4 1 6 0.8 5.3 73 0.01
KL46-05 407 408.1 0.05 500 0.46 29.5 22500 15200 160 4 2 4 38 45.5 67 2.84
KL46-05 408.1 410.1 0.51 5100 1.7 282 215000 238000 1860 17 5 1 408 60.5 26 40.6
KL46-05 410.1 412.8 1.56 15600 2.86 460 103000 137000 5100 20 58 3 730 66.0 50 21.4
KL46-05 412.8 415.3 0.32 3200 1.34 136 110000 85000 1170 21 10 4 240 87.3 145 20.4
KL46-05 415.3 417.7 0.0076 76 0.09 0.6 1040 290 14 1 1 1 10.8 4.0 32 0.26
KL46-05 417.7 420.2 0.129 1290 0.64 34.7 33600 20500 410 72 3 9 130 39.0 265 3.82
KL46-05 420.2 422.3 0.22 2200 0.53 18.1 9300 5500 270 116 2 5 92 20.5 266 1.22
KL46-05 422.3 426.8 0.0253 253 0.12 4.7 1610 820 47 27 3 4 15.2 5.0 254 0.25
KL46-05 426.8 428.3 0.085 850 0.07 42 16000 8700 240 12 68 4 56 11.5 273 1.96
KL46-05 428.3 429.9 0.31 3100 0.13 91 8100 8500 1240 8 102 4 174 11.0 231 1.84
KL46-05 429.9 432.8 0.0175 175 0.02 3.3 720 480 40 5 5 3 13 1.0 217 0.01
KL46-05 432.8 435.6 0.084 840 0.03 5.9 1560 1050 200 14 6 2 96 3.5 172 0.32
KL46-05 435.6 437.7 0.0215 215 0.09 1.1 680 212 46 12 0.01 2 36 4.3 346 0.1
KL46-05 437.7 439.4 0.0204 204 0.25 4.1 7900 3100 54 36 4 1 40 10.8 107 0.8
KL46-05 439.4 442.7 0.0066 66 0.09 2 1900 920 30 132 1 3 10.8 5.0 147 0.27
KL46-05 442.7 446.3 0.0136 136 0.05 2.8 3000 1700 36 6 4 1 16.7 4.3 308 0.35
KL46-05 446.3 449 0.194 1940 0.31 8.2 5500 2500 190 16 14 1 282 13.0 306 0.64
KL46-05 449 451.4 0.22 2200 0.15 14.2 6000 3200 180 101 24 1 1090 9.3 200 1.04
KL46-05 451.4 454.3 1.4 14000 0.46 24.2 4700 6500 780 164 7 2 4870 8.5 290 1.2
KL46-05 454.3 457.4 0.41 4100 0.57 35.1 2500 3800 270 335 6 3 2400 6.3 195 0.68
KL46-05 457.4 460.5 0.078 780 0.11 7.9 10800 4900 200 379 5 1 284 14.0 58 0.8
KL46-05 460.5 461.9 0.15 1500 0.08 4.5 12100 4500 120 404 4 1 692 18.0 95 0.78
KL46-05 461.9 464 0.16 1600 0.16 6.9 8800 3900 150 508 5 1 682 14.3 108 0.76
KL46-05 464 467.3 0.054 540 0.15 6.5 5600 2300 70 200 6 1 212 9.5 96 0.49
KL46-05 467.3 470.3 0.075 750 0.41 6.9 6800 2600 100 151 4 1 266 7.8 108 0.66
KL46-05 470.3 473.3 0.29 2900 0.32 28 15100 5600 450 46 32 1 890 18.0 345 1.5
KL46-05 473.3 476.3 0.05 500 0.35 17.1 14800 6400 170 105 7 1 80 15.2 189 1.1
KL46-05 476.3 479.3 0.102 1020 0.46 37 10000 4700 350 265 56 5 238 22.5 42 1.26
KL46-05 479.3 482.3 0.47 4700 0.84 16.5 8600 1520 1680 15 3 7 352 24.9 39 1.74
KL46-05 482.3 485.3 0.036 360 1.06 12.9 43700 1900 340 14 10 1 40 35.5 29 7.5
KL46-05 485.3 488.3 0.067 670 0.38 8.4 8900 1000 180 7 8 1 62 13.0 28 2.14
KL46-05 488.3 490.8 0.072 720 0.25 6.7 5900 1050 110 37 5 1 244 10.3 47 1.14
KL46-05 490.8 493.8 0.0019 19 0.03 0.1 116 32 7 2 0.01 1 0.8 1.0 31 0.01
KL46-05 493.8 496.8 0.0026 26 0.03 0.1 93 29 4 1 0.01 1 0.3 1.3 28 0.01
KL46-05 496.8 499.8 0.0362 362 0.4 5.3 12800 3400 170 16 3 1 30 31.3 47 1.7
KL46-05 499.8 501.7 0.147 1470 1.18 20.8 51100 10500 800 37 36 3 170 66.3 43 5.28
KL46-05 501.7 503.3 0.101 1010 1.14 28.8 73000 15200 720 35 36 3 100 65.8 50 6.86



Appendix V - 444 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-05 503.3 505.5 0.52 5200 1.16 186 86500 53000 1950 39 276 3 200 70.0 77 7.74
KL46-05 505.5 508.5 0.094 940 0.26 31.1 24600 10100 410 7 54 1 48 30.2 31 1.7
KL46-05 508.5 511.6 0.042 420 0.17 13.1 12100 4000 160 4 26 1 27 20.5 28 0.84
KL46-05 511.6 514.7 0.0132 132 0.08 3.2 4600 1400 57 12 4 1 20 8.8 31 0.28
KL46-05 514.7 517.4 0.0065 65 0.06 0.7 2200 361 20 1 1 1 9.6 6.3 27 0.21
KL46-05 517.4 520.5 0.0065 65 0.04 0.1 860 225 18 2 0.01 1 7.8 2.4 30 0.11
KL46-05 520.5 523.6 0.054 540 0.13 38 18000 26000 170 9 4 9 54 15.7 211 2.96
KL46-05 523.6 526.7 0.075 750 0.42 1.8 2900 1100 110 4 2 5 32 10.8 25 1.14
KL46-05 526.7 529.8 0.058 580 0.6 4.1 6300 1340 250 18 4 1 80 25.3 39 1.48
KL46-05 529.8 532.9 0.0039 39 0.14 1.8 650 296 21 4 1 1 11.5 6.8 35 0.31
KL46-05 532.9 536 0.0069 69 0.23 3.4 280 200 71 6 3 3 2.5 4.7 98 0.01
KL46-05 536 539.1 0.0126 126 0.11 1.8 4120 1760 22 6 1 1 30 8.8 28 0.54
KL46-05 539.1 541.2 0.0034 34 0.15 1 1810 360 21 5 1 1 7 6.8 17 0.36
KL46-05 541.2 542.7 0.0047 47 0.09 0.1 680 480 7 9 0.01 1 7.7 6.5 15 0.17
KL46-05 542.7 545.3 0.0066 66 0.06 0.8 590 570 15 13 2 1 10.6 7.0 13 0.17
KL46-05 545.3 547.4 0.0126 126 0.09 1.1 1050 1250 36 11 2 1 19.8 13.3 14 0.58
KL46-05 547.4 549 0.0041 41 0.06 0.1 231 100 9 11 1 2 4.6 3.2 10 0.1
KL46-05 549 551.2 0.0055 55 0.04 0.8 378 330 9 9 3 1 3.2 8.0 12 0.1
KL46-05 551.2 553.6 0.0213 213 0.32 0.8 1940 470 73 29 3 2 14 15.5 26 0.8
KL46-05 553.6 555.8 0.0189 189 1.24 0.6 690 363 120 11 3 1 24 18.8 20 0.66
KL46-05 555.8 557.3 0.0091 91 0.25 2.4 2000 2120 70 4 2 8 15.4 17.0 15 0.52
KL46-05 557.3 560.3 0.0182 182 1.34 1.7 1310 580 560 1 0.01 18 46 6.9 60 3.16
KL46-05 560.3 563.3 0.303 3030 0.83 3.4 4480 2120 250 6 6 15 60 13.3 26 1.58
KL46-05 563.3 565.4 0.0164 164 0.14 5.4 1630 8900 21 6 2 1 14.8 27.4 15 0.14
KL46-05 565.4 568.5 0.0202 202 0.06 0.7 315 460 20 5 1 1 5.6 9.3 19 0.01
KL46-05 568.5 571.6 0.0182 182 0.03 1.4 4080 4400 26 5 0.01 1 7.5 39.4 14 0.13
KL46-05 571.6 574.7 0.015 150 0.08 0.8 590 325 33 3 1 1 24 5.0 13 0.01
KL46-05 574.7 576.9 0.0155 155 0.21 4 7000 4300 37 6 0.01 1 15.2 6.8 16 0.27
KL46-05 576.9 578.3 0.29 2900 0.42 27.9 23100 33200 870 8 0.01 1 140 6.5 14 0.68
KL46-05 578.3 581.3 0.0261 261 0.11 2.3 1150 820 32 6 1 1 46 8.3 11 0.1
KL46-05 581.3 584.3 0.65 6500 0.4 16.1 7100 3800 180 35 8 11 35 38.5 28 0.13
KL46-05 584.3 586.3 0.317 3170 0.36 11.9 3680 2080 120 31 10 10 27 23.8 23 0.1
KL46-05 586.3 589.4 0.206 2060 0.18 6.9 4310 2220 60 22 9 3 65 42.8 20 0.1
KL46-05 589.4 592.5 0.061 610 0.07 3.2 1400 1150 58 10 5 1 72 25.0 17 0.01
KL46-05 592.5 595.6 5.89 58900 1.21 89 23300 14700 1470 12 103 12 300 27.5 23 1.48
KL46-05 595.6 598.6 0.148 1480 0.17 3.5 3450 1740 310 15 5 6 47 15.8 18 0.15
KL46-05 598.6 601.7 1.97 19700 0.48 45 10900 69500 400 8 9 3 150 53.0 16 0.56
KL46-05 601.7 604.7 0.0373 373 0.08 0.9 1050 410 35 10 1 1 6.7 12.0 14 0.01
KL46-05 604.7 607.8 0.068 680 0.05 0.6 296 95 24 7 1 3 3.2 4.2 25 0.01
KL46-05 607.8 610.9 0.0256 256 0.04 0.5 780 94 46 7 6 1 3.4 5.2 13 0.01
KL46-05 610.9 614 0.178 1780 0.26 1.8 1750 353 68 10 1 9 15.2 10.5 19 0.18
KL46-05 614 617.1 0.051 510 0.26 0.8 980 230 58 6 2 3 5 6.0 23 0.01
KL46-05 617.1 620.2 0.168 1680 0.34 9.5 930 335 140 9 2 2 122 11.8 21 0.01
KL46-05 620.2 623.3 0.073 730 0.08 4.7 223 118 33 60 3 1 30 8.5 13 0.01
KL46-05 623.3 626.3 0.063 630 0.11 1.2 1310 131 22 10 3 2 3.1 6.5 12 0.01
KL46-05 626.3 629.3 0.061 610 0.07 1.5 660 490 30 6 6 3 7.4 13.8 27 0.01
KL46-05 629.3 632.3 0.32 3200 0.22 1.3 172 47 12 13 2 4 2.7 6.5 21 0.01
KL46-05 632.3 635.3 0.135 1350 0.03 11 119 308 39 239 78 6 5.2 16.2 59 0.01
KL46-05 635.3 638.3 0.56 5600 0.12 27.9 2850 2260 95 146 14 23 4.3 22.6 79 0.01
KL46-05 638.3 641.3 0.416 4160 0.25 1.6 231 45 13 10 2 6 1.1 6.5 20 0.01
KL46-05 641.3 643.9 1.95 19500 0.6 3.9 430 47 16 101 3 31 3.6 7.5 30 0.01
KL46-05 643.9 647 2.84 28400 0.96 6.5 530 62 11 36 8 45 5.9 13.0 37 0.1
KL46-05 647 651 3.14 31400 0.96 6.6 420 27 17 30 7 62 5.5 9.0 53 0.01
KL46-05 651 653.1 0.66 6600 0.41 9.5 18500 6000 290 23 1 20 17.8 13.5 74 0.27
KL46-05 653.1 656.2 0.297 2970 0.19 1.1 2250 157 170 21 1 12 6.5 4.8 41 0.01
KL46-05 656.2 659.3 0.124 1240 0.05 0.1 55 26 4 113 0.01 2 1.2 1.8 110 0.01
KL46-05 659.3 662.3 0.433 4330 0.23 0.8 106 27 2 13 0.01 8 0.4 5.3 63 0.01
KL46-05 662.3 665.3 0.191 1910 0.14 1 113 46 8 112 0.01 4 1.3 1.3 65 0.01
KL46-05 665.3 668.3 0.174 1740 0.09 1.7 4860 880 140 20 1 10 6.3 6.5 64 0.01
KL46-05 668.3 671.3 0.26 2600 0.08 1.8 790 156 6 152 3 3 1.7 7.0 67 0.01
KL46-05 671.3 674 0.23 2300 0.12 0.1 60 26 1 73 0.01 3 0.5 2.4 84 0.01
KL46-05 674 677.1 1.09 10900 0.62 1.1 215 32 7 10 1 8 2.8 8.5 30 0.01
KL46-05 677.1 680.2 0.263 2630 0.09 3 2990 1520 29 129 3 6 3 5.2 187 0.01



Appendix V - 445 Metal assay suite of split drill core

Hole From To Cu Au Ag Zn Pb As Mo Bi Co Sb Se Cr Hg
KL46-05 680.2 683.3 0.23 2300 0.1 1.5 346 72 9 111 1 5 1.8 3.8 64 0.01
KL46-05 683.3 685.9 0.216 2160 0.09 0.1 96 24 5 120 0.01 3 0.9 3.3 58 0.01
KL46-05 685.9 689 0.183 1830 0.08 1.4 3000 880 64 72 0.01 5 3.2 4.5 65 0.01
KL46-05 689 690.3 0.31 3100 0.13 0.8 840 254 23 38 1 9 2.3 4.8 50 0.01
KL46-05 690.3 692.3 0.206 2060 0.11 1 980 282 17 191 0.01 5 1.8 5.1 114 0.01
KL46-05 692.3 695.3 0.194 1940 0.07 0.9 79 23 6 54 1 4 1 0.5 51 0.01
KL46-05 695.3 698.3 0.25 2500 0.15 0.1 164 23 16 22 0.01 7 4.2 3.3 48 0.01
KL46-05 698.3 701.3 0.31 3100 0.13 0.8 181 34 10 37 1 8 1.4 3.5 84 0.01
KL46-05 701.3 704.3 0.29 2900 0.14 0.7 330 75 12 57 1 7 1.5 3.8 91 0.01
KL46-05 704.3 707.3 0.24 2400 0.14 0.6 252 32 9 12 0.01 6 1.4 2.8 27 0.01
KL46-05 707.3 710.3 0.211 2110 0.12 0.1 269 258 3 5 0.01 8 1.1 3.8 39 0.01
KL46-05 710.3 713.3 0.408 4080 0.26 1.1 420 49 10 43 2 10 1.9 5.0 39 0.01
KL46-05 713.3 716.3 0.8 8000 0.51 3.6 700 550 25 14 2 18 7.6 5.8 62 0.24
KL46-05 716.3 719.3 0.47 4700 0.28 0.8 273 120 10 36 1 8 1.6 4.0 43 0.01
KL46-05 719.3 722.3 0.26 2600 0.24 0.7 75 19 13 34 1 5 4.3 3.3 46 0.01
KL46-05 722.3 724.7 0.31 3100 0.51 1.3 470 60 13 26 4 6 3.2 4.5 107 0.01
KL46-05 724.7 726.9 0.37 3700 0.2 1.2 10000 272 83 25 0.01 18 2.7 3.3 108 0.01
KL46-05 726.9 728.3 0.212 2120 0.12 1.8 4910 870 240 33 1 13 6.7 3.3 66 0.1
KL46-05 728.3 731.3 0.3 3000 0.2 1.1 1160 283 60 43 3 8 4.5 4.5 118 0.01
KL46-05 731.3 734.3 0.53 5300 0.22 1.4 4620 890 10 7 3 14 2.8 5.4 133 0.01
KL46-05 734.3 737.3 0.3 3000 0.18 1 550 102 15 15 3 9 4.6 3.5 61 0.01
KL46-05 737.3 740.3 0.405 4050 0.21 1.5 1230 820 12 6 0.01 12 4.3 5.0 20 0.22
KL46-05 740.3 743.3 0.24 2400 0.1 0.7 8700 1800 7 10 2 11 2.2 3.0 113 0.01
KL46-05 743.3 746.3 1.11 11100 0.82 2.7 22600 7200 54 11 4 18 5.6 11.5 84 0.01
KL46-05 746.3 749.3 0.92 9200 0.52 2.2 36400 8200 330 69 2 14 5.3 13.5 45 0.1
KL46-05 749.3 752.3 0.4 4000 0.2 1.2 37600 5600 26 59 1 13 5 4.5 33 0.01
KL46-05 752.3 755.3 1.31 13100 0.46 1.1 3600 1470 2 43 1 27 0.2 19.0 26 0.01
KL46-05 755.3 758.3 1.41 14100 0.34 3 10000 2100 8 48 1 21 1 14.5 54 0.01
KL46-05 758.3 761.3 1.25 12500 0.44 1.1 1880 302 1 13 0.01 23 0.4 15.0 22 0.01
KL46-05 761.3 764.3 1.9 19000 0.85 3 1210 159 6 11 1 21 0.9 16.8 22 0.01
KL46-05 764.3 767.3 1.2 12000 0.65 4.6 1140 266 8 9 1 22 9.5 13.0 26 0.01
KL46-05 767.3 770.3 2.18 21800 0.85 4.2 272 40 5 19 0.01 26 2.8 25.0 22 0.01
KL46-05 770.3 773.3 0.625 6250 0.44 1.5 281 117 3 13 1 22 0.01 6.5 23 0.01
KL46-05 773.3 776.3 1.56 15600 0.76 2 194 18 2 4 0.01 30 0.3 9.9 16 0.01
KL46-05 776.3 779.3 1.12 11200 0.98 2.2 430 130 4 10 1 30 0.7 9.3 31 0.01
KL46-05 779.3 782.3 1.23 12300 0.8 2.1 168 57 2 40 1 29 0.3 13.0 22 0.01
KL46-05 782.3 785.3 1.55 15500 0.86 2.9 163 23 3 4 0.01 24 0.5 9.3 23 0.01
KL46-05 785.3 788.4 1.29 12900 0.76 1.7 147 25 3 17 0.01 17 0.4 11.5 37 0.01
KL46-05 788.4 791.3 2.53 25300 1.54 4.3 183 15 2 8 0.01 21 0.01 20.0 30 0.01
KL46-05 791.3 794.3 1.89 18900 1.28 2.2 157 16 2 1 0.01 35 0.3 14.0 17 0.01
KL46-05 794.3 797 1.53 15300 1.2 2.3 216 22 2 6 0.01 35 0.6 9.0 20 0.01
KL46-05 797 800.1 0.489 4890 0.46 1.2 420 153 2 2 0.01 25 0.7 3.8 19 0.01
KL46-05 800.1 803.1 1.8 18000 1.4 3 328 42 3 5 0.01 34 0.3 14.0 20 0.01
KL46-05 803.1 806.2 1.5 15000 1.35 13.2 1710 710 16 3 7 28 4 12.5 19 0.01
KL46-05 806.2 809.1 0.82 8200 1.35 18.3 2600 3800 40 5 8 26 6.2 47.0 100 0.68
KL46-05 809.1 812 1.03 10300 0.66 11.3 620 278 28 1 13 40 6.2 31.0 108 0.98
KL46-05 812 815.1 1.12 11200 0.7 12.6 670 300 24 1 18 37 5.9 53.0 109 1.1
KL46-05 815.1 818.2 1.86 18600 1.49 2.5 194 35 3 1 5 24 1.2 12.0 32 0.1
KL46-05 818.2 820.5 1.26 12600 0.97 9.3 2100 2730 26 3 3 22 26 9.8 52 0.72
KL46-05 820.5 822.3 0.271 2710 0.39 2 1310 540 35 16 3 24 3 6.0 67 0.39
KL46-05 822.3 825.3 0.55 5500 0.54 1.3 214 40 8 23 1 13 1.3 6.5 58 0.01
KL46-05 825.3 827.1 0.501 5010 0.4 1.3 181 31 9 26 1 10 1.3 5.3 60 0.01



 Appendix VI - 1 Thermometric experiments results  

Appendix VI – Fluid inclusion analysis 

EXPERIMENTAL RESULTS 

Table VI-1 Results of thermometric experiments 

Hole metre comp type Te Thh Tice Tsyl Thal Tvap Ph ice 

KL32-1 263.8 SLV P      670.0 * Br 

KL32-1 263.8 SLV P     371.4 670.0 * Br 

KL32-5 376.4 VL PS   -9.0   670.0 *  

KL32-5 376.4 SLV P     398.6 670.0 *  

KL32-5 376.4 SLV P     418.7 670.0 *  

KL32-5 376.4 SLV P     415.6 670.0 *  

KL32-5 376.4 SLV P     410.7 670.0 *  

KL32-5 376.4 SLV P     428.7 670.0 *  

KL32-5 376.4 SLV P    107.9 319.2 670.0 *  

KL32-5 376.4 SLV P     314.0 665.7 L  

KL32-5 339.2 SLV P     391.7 650.0 **  

KL32-5 339.2 SLV P     403.0 650.0 *  

KL32-5 339.2 SLV P     404.0 650.0 *  

KL32-5 339.2 SLV P     401.0 650.0 *  

KL32-5 339.2 SLV P     390.0 650.0 *  

KL32-5 376.4 SLV P   -5.2 83.5 316.6 612.1 L  

KL32-5 706.7 VL PS      600.0 *  

KL32-5 706.7 VL PS      600.0 *  

KL32-5 706.7 VL PS      600.0 *  

KL32-5 706.7 VL PS      600.0 *  

KL32-5 376.4 SLV P     278.0 595.8 L  

KL32-5 706.7 VL PS      580.0 V  

KL32-5 376.4 SLV P     376.4 550.0 L  

KL32-5 706.7 VL S      539.2 V  

KL32-5 706.7 LV PS -26.5 26.5 -19.0   520.0 L Br 

KL32-5 706.7 VL PS -35.4  -7.8   520.0 V  

KL32-5 706.7 LV PS -46.0  -15.0   500.0 L  

KL32-5 706.7 VL PS      460.0 V  

KL38-5 225.4 SLV P     314.1 454.5 L  

KL32-5 706.7 VL S  -32.2 -22.3   451.2 V  

KL48-1 100.2 SLV PS    225.7 410.1 443.5 L  

KL32-1 263.8 LV PS  -34.0 -27.0   437.0 L Br 
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Hole metre comp type Te Thh Tice Tsyl Thal Tvap Ph ice 

KL32-5 706.7 VL PS      435.0 V  

KL48-1 100.2 SLV P  10.7  186.4 426.3 431.7 L Br 

KL32-5 706.7 LV S  15.0 -25.0   429.0 L  

KL32-5 706.7 VL PS      427.0 V  

KL48-1 100.2 LV PS -48.8 -26.2 -13.8   422.7 L Br 

KL48-1 100.2 SLV P  -53.0  19.7 52.1 132.1 422.7 L Br 

KL32-5 376.4 VL PS      421.7 L  

KL32-1 263.8 LV PS   -26.4   416.9 L Br 

KL48-1 100.2 SLV P  -53.0 -26.2 -1.8 54.4 130.6 416.7 L Br 

KL32-1 263.8 LV PS  -33.0 -28.4   416.2 L Br 

KL48-1 100.2 LV PS -47.5  -12.0   415.8 L Br 

KL48-1 100.2 SLV P  -53.0   74.8 128.6 415.8 L Br 

KL32-1 263.8 LV PS -47.0  -25.2   415.5 L Br 

KL48-1 100.2 SLV P  -53.0   54.4 128.0 415.0 L Br 

KL32-1 263.8 SLV P     375.0 413.1 L Br 

KL48-1 100.2 SLV P  -53.0 -14.6 22.3 53.8 127.1 413.1 L Br 

KL48-1 100.2 SLV P  -53.0  -1.8 52.1 131.4 413.0 L Br 

KL32-1 263.8 LV PS   -26.4   408.2 L Br 

KL38-5 225.4 SLV P    135.6 400.1 407.8 L  

KL48-1 100.2 SLV P  -53.0  26.2 54.4 128.6 406.5 L Br 

KL48-1 100.2 SLV P  -53.0   52.1 132.4 406.0 L Br 

KL32-3 354.3 SLV P    149.5 323.0 405.0 L  

KL48-1 100.2 SLV PS      402.0 L Br 

KL38-5 225.4 SLV P     392.4 401.0 L  

KL48-1 100.2 LV PS      398.9 L Br 

KL48-1 100.2 SLV P  13.2   209.2 392.3 L Br 

KL32-1 263.8 SLV P    113.0 395.0 391.5 L Br 

KL48-1 100.2 LV PS   -11.0   387.0 L Br 

KL32-1 263.8 SLV P -47.3 -29.6  104.0 371.4 385.5 L Br 

KL32-1 263.8 SLV P     386.0 385.3 L Br 

KL48-1 100.2 SLV P  -53.0   57.0 125.2 384.6 L Br 

KL32-3 354.3 VL PS      383.0 V  

KL32-3 354.3 VL PS   -4.9   383.0 V  

KL32-5 376.4 VL PS   -2.0   379.5 L  

KL48-1 100.2 LV PS -45.0  -14.5   376.9 L Br 

KL48-1 100.2 LV PS      375.3 L Br 

KL32-5 376.4 VL PS   -9.5   375.0 L  

KL48-1 100.2 LV PS      369.1 L Br 
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Hole metre comp type Te Thh Tice Tsyl Thal Tvap Ph ice 

KL32-5 706.7 LV S      368.0 L  

KL48-1 100.2 LV PS   -11.9   367.5 L Br 

KL38-5 225.4 SLV P     360.0 367.1 L  

KL38-5 225.4 SLV P    132.3 370.0 367.0 L  

KL32-1 263.8 SLV P -48.0   105.8  366.8 L Br 

KL32-1 263.8 LV PS   -19.3   366.3 L Br 

KL32-5 706.7 VL PS      365.0 V  

KL38-5 225.4 SLV P     370.0 364.0 L  

KL32-5 706.7 LV PS      362.3 L  

KL32-1 263.8 SLV P    122.0 399.5 360.2 L Br 

KL48-1 100.2 SLV P -53.0 -34.0 -0.8 100.9 277.8 358.3 L  

KL32-1 263.8 SLV P    134.0 345.0 355.6 L Br 

KL48-1 100.2 LV PS      355.6 L Br 

KL32-3 354.3 SLV P     423.6 354.6 L Br 

KL32-1 263.8 LV PS  50.0 -20.0   354.2 L Br 

KL38-5 225.4 SLV P    125.0 345.0 353.3 L  

KL32-1 255.7 LV PS   -5.0   352.9 L  

KL32-1 263.8 SLV P    130.0 399.7 352.3 L Br 

KL32-5 706.7 LV PS  18.2    352.2 L  

KL48-1 100.2 LV PS      351.8 L Br 

KL32-1 263.8 LV PS  46.0 -24.4   351.4 L Br 

KL32-3 354.3 SLV P      350.0 L  

KL48-1 100.2 LV PS      344.4 L Br 

KL48-1 100.2 LV PS      344.1 L Br 

KL48-1 100.2 LV PS   -11.5   343.6 L Br 

KL32-3 354.3 SLV P    110.5 393.8 338.9 L Br 

KL32-1 263.8 LV PS      338.8 L  

KL32-3 354.3 LV S      338.5 L  

KL32-5 706.7 LV PS   -4.7   338.3 L  

KL32-5 706.7 SLV P      334.9 L  

KL48-1 100.2 LV S      331.6 L  

KL32-1 263.8 LV PS   -23.0   331.4 L Br 

KL48-1 100.2 LV S   -3.3   331.4 L  

KL48-1 100.2 LV S      328.6 L  

KL32-3 354.3 LV S      328.0 L  

KL32-3 354.3 SLV P    112.3 340.2 327.7 L Br 

KL48-1 100.2 LV S      327.0 L  

KL48-1 100.2 LV S      326.7 L  
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Hole metre comp type Te Thh Tice Tsyl Thal Tvap Ph ice 

KL32-5 706.7 VL PS      326.0 V  

KL48-1 100.2 LV S   -2.0   325.8 L  

KL48-1 100.2 SLV P      325.0 L  

KL32-5 706.7 LV PS   -22.5   323.1 L  

KL32-5 706.7 LV PS      320.4 L  

KL32-1 263.8 LV S      320.0 L  

KL32-5 339.2 SLV P -53.3   89.2 154.2 319.5 L Br 

KL32-5 339.2 SLV P    35.6  318.9 L Br 

KL32-3 354.3 LV S   -1.2   318.1 L  

KL32-3 354.3 LV S      317.9 L  

KL32-1 263.8 LV PS      317.8 L  

KL32-5 706.7 SLV P     311.5 316.8 L Br 

KL32-1 263.8 LV PS   -17.6   315.2 L  

KL32-1 263.8 SLV P    120.0 416.3 315.0 L Br 

KL32-1 263.8 LV PS   -27.0   314.9 L  

KL32-3 354.3 LV PS      314.3 L  

KL48-1 100.2 SLV P    86.4  314.0 L  

KL32-1 263.8 LV PS   -4.0   313.2 L  

KL32-5 339.2 LV S      311.9 L  

KL32-5 376.4 LV PS   -9.5   311.0 L  

KL32-5 706.7 SLV P    248.2 350.8 310.2 L Br 

KL32-5 706.7 SLV P     327.2 309.0 L Br 

KL32-3 354.3 LV S      307.6 L  

KL32-5 706.7 LV PS      307.2 L  

KL32-1 255.7 LV PS   -2.3   307.0 L  

KL32-1 255.7 LV PS   -2.4   304.3 L  

KL32-1 255.7 LV PS   -2.5   303.5 L  

KL32-5 706.7 LV PS   -2.5   303.2 L  

KL32-3 354.3 LV PS      302.5 L  

KL32-5 706.7 SLV P     357.1 302.5 L  

KL32-3 354.3 LV PS      302.4 L  

KL32-5 339.2 LV S -37.0  -26.4   301.1 L Br 

KL32-1 255.7 LV PS   -1.8   300.6 L  

KL32-5 339.2 LV S -38.0  -26.4   299.0 L Br 

KL32-5 706.7 SLV P -52.3    368.7 298.0 L Br 

KL32-5 376.4 SLV P     270.0 296.5 L  

KL32-1 263.8 SLV P    125.0 405.6 295.7 L Br 

KL32-5 339.2 LV S      295.6 L  
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Hole metre comp type Te Thh Tice Tsyl Thal Tvap Ph ice 

KL32-1 263.8 SLV P    99.0 409.5 294.3 L Br 

KL32-5 706.7 SLV P    82.5 305.3 293.2 L Br 

KL32-5 376.4 SLV P      292.6 L  

KL32-5 339.2 VL PS      292.3 V  

KL32-3 354.3 LV PS   -1.5   289.9 L  

KL32-1 255.7 LV PS   -9.3   288.6 L Br 

KL32-1 255.7 LV PS   -2.0   288.0 L  

KL32-1 255.7 LV PS   -2.3   287.7 L  

KL32-1 255.7 LV PS   -4.2   286.2 L  

KL32-5 706.7 SLV P     285.1 286.0 L  

KL32-5 706.7 LV S      285.0 L  

KL32-5 706.7 LV S      284.3 L  

KL48-1 100.2 SLV P    181.3 367.1 283.2 L Br 

KL32-5 706.7 SLV P     371.8 283.1 L Br 

KL32-1 255.7 LV PS   -2.0   283.0 L  

KL32-5 706.7 LV S  20.0    281.0 L  

KL32-5 706.7 SLV P    136.5 444.4 280.3 L  

KL32-5 706.7 VL PS      280.0 V  

KL32-1 255.7 LV PS  -28.1 -14.2   275.6 L Br 

KL32-1 255.7 LV PS      273.0 L  

KL32-1 263.8 SLV P     412.0 272.0 L Br 

KL48-1 100.2 SLV P    136.0 385.0 270.0 L Br 

KL48-1 100.2 SLV P    172.7 392.9 268.6 L Br 

KL48-1 100.2 SLV P    132.0 390.0 264.5 L Br 

KL32-1 255.7 LV PS      263.4 L  

KL32-5 706.7 LV S      261.4 L  

KL48-1 100.2 SLV P    140.3 390.0 260.5 L Br 

KL32-1 255.7 LV PS   -4.5   259.8 L  

KL32-5 706.7 LV S   -4.5   259.4 L  

KL48-1 100.2 SLV P    150.1 360.1 257.5 L Br 

KL48-1 100.2 SLV P    137.5 350.0 254.7 L Br 

KL32-1 263.8 SLV P      254.5 L  

KL32-1 255.7 LV PS   -2.2   254.0 L  

KL32-5 706.7 SLV P     276.0 253.3 L  

KL32-5 706.7 LV S   -4.7   251.3 L  

KL32-5 706.7 LV S      238.8 L  

KL32-5 339.2 LV S -26.3  -23.3   238.7 L  

KL32-1 263.8 SLV P    117.0 386.1 236.5 L Br 
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Hole metre comp type Te Thh Tice Tsyl Thal Tvap Ph ice 

KL32-5 376.4 LV S   -1.0   213.9 L  

KL32-5 339.2 LV PS   -5.3   201.6 L Br 

KL32-5 339.2 LV S   1.0   199.6 L  

KL32-5 339.2 LV PS      198.9 L Br 

KL32-5 339.2 LV PS   -5.5   197.9 L Br 

KL32-5 339.2 LV S   -1.7   196.5 L  

KL32-5 339.2 LV S      194.6 L  

KL32-5 339.2 LV PS      192.6 L Br 

KL32-5 339.2 LV S      188.3 L  

KL32-1 263.8 LV S  -26.8 -3.1   157.0 L  

KL32-1 263.8 SLV P     310.0  L Br 

KL32-3 354.3 SLV P     283.2  L  

KL32-3 354.3 SLV P     323.4  L  

KL32-5 339.2 VL PS -52.3  -10.5    L Br 

KL32-5 339.2 SLV P    99.8   L  

KL32-5 706.7 LV PS   -4.8    L  

KL38-5 225.4 SLV P    110.0 435.0  L  

KL38-5 225.4 SLV P     363.0  L  

KL38-5 225.4 SLV P     365.8  L  

KL48-1 100.2 SLV P    117.5   L  

KL48-1 100.2 SLV P    56.5   L  

KL48-1 100.2 SLV P    84.6 283.0  L  

 

SLV = solid-liquid-vapour, LV = liquid vapour, VL = vapour-liquid 

P = primary, PS = pseudosecondary, S = secondary. 

Te = eutectic (first melt) temperature, Thh = hydrohalite melting, Tice = ice melting, Tsyl = sylvite melting, 

Thal = halite melting, Tvap = vapour homogenisation. 

L = homogenisation to liquid, V = homogenisation to vapour, * denotes homogenisation not achieved, ** 

denotes homogenisation not achieved and orange hematite homogenisation at 560°C 

Br = brown-coloured  ice 

. 
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Appendix VII – Stable isotopes analysis 

Oxygen isotopes analytical method 

All stable isotope ratios are measured at Monash University on a fully automated dual inlet 

Finnigan MAT 252 gas-source mass spectrometer. Preparation of the samples for analysis uses 

the following techniques. 

Silicates 

Oxygen isotope ratios of silicates are analysed following Clayton & Mayeda (1963) but using 

ClF3 as the oxidising reagent. Standardisation is against internal standard BHQ that has a δ
18

O 

value of 10.24±0.21‰. This standard was calibrated against NBS 28 that has a long term average 

δ
18

O value of 9.58±0.12‰. δ
18

O values are expressed relative to V-SMOW, and reproducibility is 

±0.2‰.  

Sample Preparation: Samples of whole rock or mineral separates should be crushed to a "fine 

sugar" consistency (powders that are too fine absorb water and are difficult to weigh and load). 

All carbonate / sulphide must be removed prior to analysis. 10 mg of sample is required for 

analysis, but it is advisable to prepare at least 20-30 mg in case repeat analyses are required. 

Samples should be analysed soon after preparation or stored in an oven / dessicator to avoid 

absorbing of water from the atmosphere. 

Carbonates 

CO2 is extracted from calcite by reaction with H3PO4 at 25°C (calcite) or 50°C (dolomite) for 12-

18 hours in sealed vessels (McCrea, 1950). δ
18

O and δ
13

C values are expressed relative to V-

SMOW and V-PDB respectively. Standardisation is against internal calcite standard ISACC that 

was calibrated using IAEA-CO-1 and which has long-term average δ
13

C and δ
18

O values of -

6.37±0.06‰ and 12.68±0.13‰. Reproducibility for both O and C is 0.1‰. 
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Sample Preparation: Carbonates can be run from pure powders or mixed carbonate-silicate 

powders (provided the approximate percentage of carbonate is known). Approximately 2-3 mg of 

carbonate is required for analysis, but it is preferable to prepare at least 5-10 mg in case repeat 

analyses are required. Samples should be crushed to a "fine sugar" consistency (powders that are 

too fine absorb water and are difficult to weigh and load) and be analysed soon after preparation 

or stored in an oven / dessicator to avoid absorbing of water from the atmosphere. 

Hydrogen isotopes analytical method 

For H isotope analysis of fluid inclusion water, pure quartz samples (mostly between 0.5-2g) with 

one dominant inclusion population, were heated to 200°C overnight under high vacuum to release 

labile volatiles and loaded into thoroughly outgassed Pt crucibles. In the case of silicate minerals, 

outgassing was done on several tens of mg of pure mineral separate at 150°C. Samples were then 

placed in an outgassed Pt crucible, gradually heated by radiofrequency induction in an evacuated 

quartz tube to temperatures in excess of 1500°C. The released water was then reduced to H2 in a 

chromium furnace at 800°C (Donnelly et al. 2001), with the evolved gas measured quantitatively 

in a Hg manometer, then collected using a Toepler pump. The gas was subsequently analysed on a 

VG 602D mass spectrometer with a manual Hg, high gas compression inlet system. Replicate 

analyses of water standards (international stds V-SMOW and GISP, and internal standard Lt Std) 

gave a reproducibilty of ±2‰. Replicate analyses of international mineral standard NBS-30 

(biotite) also gave reproducibility around ±2‰. Due to the demands of the sample selection for 

fluid inclusion analyses (those producing enough sample with only one fluid inclusion population, 

and complete lack of H-bearing contaminants), it was not possible to repeat any one sample, 

hence, based on our experience of inclusion fluid δD measurement and the quality of standard 

reproducibility during these experiments, we estimate the error on the inclusion fluids δD at ±5‰. 
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Sulphur isotopes analytical method 

Sulphides are combusted with Cu2O at 900°C in open boats to extract SO2 (Robinson & 

Kusakabe, 1975. Analytical Chemistry, 47:1179-1181). 

Sulphates are mixed with V2O5 and SiO2 and then thermally decomposed to extract SO2 by heating 

from 600 to 900°C (Yanagisawa and Sakai, 1983. Analytical Chemistry, 55:985-987). 

Isotopic analyses of extracted sulphur dioxide are performed with a MM602E mass spectrometer 

using NBS 122 (0.5‰ CDT) and NBS 123 (17.0‰ CDT) to establish a calibration curve. 

All isotopic data are reported in per mil relative to CDT with analytical uncertainities better than 

±0.3‰ CDT (1SD) for homogenous mineral separates. As demonstrated by the ion probe sulphur 

isotope analyses, multi-generational sulphides may exhibit a large range of δ34S values. 
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Appendix VIII – Geochronology analyses 

The pure mineral samples selected for 
40

Ar-
39

Ar geochronology were separated by this author and 

then despatched to Lisa Peters at the New Mexico Research Laboratory who completed the 

analyses and reported these notes which include descriptions of analytical methods and discussion 

of the results. A single sample was selected for Re-Os geochronology at the suggestion of Spencer 

Titley who then delivered the sample of quartz and molybdenite to Ryan Mathur for anlaysis. The 

description of analytical methods for Re-Os analysis supplied in this appendix was supplied to 

this author by Mathur (pers comm.). 

40
AR-

39
AR GEOCHRONOLOGY  

Sample preparation and irradiation 

• The mica separates were prepared using standard hand-picking techniques. 

• Samples were loaded into a machined Al disc and irradiated for 7 hours in D-3 position, 

Nuclear Science Center, College Station, TX. 

• Neutron flux monitor Fish Canyon Tuff sanidine (FC-1). Assigned age = 27.84Ma (Deino & 

Potts, 1990) relative to Mmhb-1 at 520.4Ma (Samson & Alexander, 1987). 

Instrumentation 

• Mass Analyzer Products 215-50 mass spectrometer on line with automated all-metal 

extraction system. 

• Mica separates were step-heated by a 50 watt Synrad CO2 laser equipped with an integrator 

lens. Heating duration 1.5 or 3 minutes. 

• Reactive gases removed by a 7 or 10 minute reaction with 2 SAES GP-50 getters, 1 operated 

at ~450°C and 1 at 20°C. Gas also exposed to a W filament operated at ~2000°C and a cold 

finger operated at –140°C. 

• Hornblende separate was step-heated in Mo double-vacuum resistance furnace. Heating 

duration 8 minutes. 

• Reactive gases removed by reaction with 3 SAES GP-50 getters, 2 operated at ~450°C and 1 

at 20°C. Gas also exposed to a W filament operated at ~2000°C. 
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Analytical parameters 

• Electron multiplier sensitivity averaged 1.72 x 10
-16

 moles/pA for the laser and 2.72 x 10
-16

 

moles/pA for the furnace. 

• Total system blank and background for the laser averaged 317, 2.0, 0.4, 0.7, 2.1 x 10
-18

 moles 

and for the furnace averaged 440, 4.0, 1.4, 2.6, 2.0 x 10
-18

 moles at masses 40, 39, 38, 37 and 

36 respectively. 

• J-factors determined to a precision of ± 0.1% by CO2 laser-fusion of 4 single crystals from 

each of 4 radial positions around the irradiation tray. 

• Correction factors for interfering nuclear reactions were determined using K-glass and CaF2 

and are as follows: (
40

Ar/
39

Ar)K = 0.00020± 0.0003; (
36

Ar/
37

Ar)Ca = 0.00028± 0.000011; and 

(
39

Ar/
37

Ar)Ca = 0.00089± 0.00003. 

Age calculations 

• Total gas age and error calculated by weighting individual steps by the fraction of 
39

Ar 

released. 

• Plateau age or preferred age calculated for the indicated steps by weighting each step by the 

inverse of the variance. 

• Plateau age error calculated using the method of Taylor (1982). 

• MSWD values are calculated for n-1 degrees of freedom for plateau age. 

• Isochron ages, 
40

Ar/
36

ArI and MSWD values calculated from regression results obtained by 

the methods of York (1969). 

• Decay constants and isotopic abundances after Steiger & Jager (1977). 

• All final errors reported at ± 2σ, unless otherwise noted. 
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Discussion of results 

This discussion is reproduced from a report supplied to this author by Lisa Peters by the New 

Mexico Geochronology Research Laboratory. 

Samples KL32-5 539.6m, KL32-5 652.4m and KL32-8 331.0m yield age spectra that display old 

apparent ages in the early heating steps that correlate with low radiogenic yields. 

The first ~70% of the age spectrum from sample KL32-8 331.0m phlogopite displays decreasing 

apparent ages correlated with increasing radiogenic yields. A weighted mean age of 3.27 ± 

0.03Ma with an acceptable MSWD is calculated from the remaining portion of the age spectrum. 

Inverse isochron analysis of this sample reveals two trapped components (Heizler and Harrison, 

1988). Steps C-F reveal an age of 3.28 ± 0.04Ma with a 
40

Ar/
36

Ar intercept of 326 ± 10 and an 

acceptable MSWD of 1.3. Steps C-F, calculated using the 
40

Ar/
36

Ar ratio indicated by the inverse 

isochron analysis rather than the atmospheric value that is normally used for age spectrum 

analysis, are shown plotted with cross hatching on the spectrum diagram. A weighted mean age of 

3.28 ± 0.02Ma is calculated from steps C-F of the isochron analysis and steps G-I of the age 

spectrum analysis. 

After the first ~4% of the 
39

Ar released, the age spectrum from phlogopite sample KL32-5 539.6m 

is concordant and yields a weighted mean age of 3.34 ± 0.02Ma with and acceptable MSWD of 

1.5 (cf. Mahon, 1996). Inverse isochron analysis of this sample reveals a 
40

Ar/
36

Ar intercept 

(306.8 ± 4.4) above the atmospheric intercept of 295.5. The isochron age of 3.28 ± 0.04Ma also 

has an acceptable MSWD of 1.0. The old apparent ages in the first 10% of the 
36

Ar released 

correlates with an increase in radiogenic yield, a pattern often seen in samples that contain excess 

argon (trapped component greater than atmospheric 
40

Ar/
36

Ar ratio of 295.5). 

The first 10-20% of the 
39

Ar released from phlogopite sample KL32-5 652.4m yields old apparent 

ages and the remainder of the age spectrum is relatively flat. A weighted mean age calculated 
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from steps D-J (3.23 ± 0.04Ma) has an MSWD value of 3.0, slightly above the acceptable value. 

When plotted on an inverse isochron, an age of 3.20 ± 0.04Ma is revealed with a 
40

Ar/
36

Ar 

intercept of 308.9 ± 14.3. 

The remaining three samples (KL20-9 465.3m, KL32-8 455.9m and KL32-1 255.7m) yield well-

behaved age spectra. 

Phlogopite from sample KL20-9 465.3m yields a nearly concordant age spectrum. A weighted 

mean age of 3.18 ± 0.02Ma with an acceptable MSWD is calculated for steps G-J. Inverse 

isochron analysis of steps A-L yields an isochron age of 3.19 ± 0.03Ma with a 
40

Ar/
36

Ar intercept 

(297.6 ± 6.9) that agrees within error to the atmospheric ratio. 

Muscovite from sample KL32-8 455.9m yields a nearly flat age spectrum. A weighted mean age 

of 3.18 ± 0.02Ma calculated from heating steps D-G contains ~67% of the 
39

Ar released and has 

an acceptable MSWD. The rise in apparent ages displayed in the last ~10% of the age spectrum 

correlated with a drop in both K/Ca and radiogenic yield is probably due to high Ca inclusions 

such as sphene or apatite. An inverse isochron of steps B-J reveals an apparent age of 3.18 ± 

0.16Ma with an 
40

Ar/
36

Ar intercept (293 ± 20) that agrees within error to the atmospheric ratio and 

has an acceptable MSWD value of 4.2. 

Muscovite from sample KL32-1 255.7m yields a slightly hump-shaped age spectrum. A weighted 

mean age of 3.45 ± 0.06Ma with an acceptable MSWD value is calculated for heating steps D-H. 

The inverse isochron reveals an 
40

Ar/
36

Ar intercept (288.1 ± 9.1) that agrees within error to 

atmosphere. 



 Appendix VIII - 5 Radiogenic isotope analytical methods 
 

 

Figure 1 Age spectra and isochron plots of sample KL28-1 360.3m (green phlogopite) 

The slight downward curve of steps E-H is suggestive of excess 
40

Ar (see Figure 3.5). 

 

(a) 

(b) 
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Figure 2 Age spectra and isochron plots of sample KL32-8 331.0m (green phlogopite) 

The slight downward curve of steps B-D is suggestive of excess 
40

Ar (see Figure 3.5). 

 

 

(a) 

(b) 
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Figure 3 Age spectra and isochron plots of sample KL32-5 539.6m ( brown biotite) 

The slight downward curve of steps C-E is suggestive of excess 
40

Ar (see Figure 3.5). 

 

(a) 

(b) 
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Figure 4 Age spectra and isochron plots of sample KL32-5 652.4m (brown biotite) 

The slight downward curve of steps E-H is suggestive of excess 
40

Ar (see Figure 3.5). 

 

(a) 

(b) 
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Figure 5 Age spectra and isochron plots of sample KL32-5 465.3m (brown biotite) 

 

(a) 

(b) 
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Figure 6 Age spectra and isochron plots of sample KL32-8 455.9m (muscovite) 

The slightly asymmetric curve at either end may indicate partial overprinting (see Figure 3.5). 

 

 

(a) 

(b) 
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Figure 7 Age spectra and isochron plots of sample KL32-1 255.7m (muscovite) 

The slight downward curve of steps E-H is suggestive of excess 
40

Ar (see Figure 3.5). 

 

(a) 

(b) 
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RE-OS GEOCHRONOLOGY 

Analytical procedures 

Concentrations of Re and Os in all of the minerals analysed were obtained through isotope 

dilution. Detailed explanation of isotope dilution can be found in Faure (1986) and Dickin (1993). 

Samples were loaded by the carius tube method (Shirey and Walker, 1995). Os was extracted 

from the solutions by a two-stage distillation process similar to Frei et al. 1998, and Roy-Barman 

et al. 1997. Re was purified from the distilled solutions by column chemistry. Samples were 

analysed on a negative thermal ionization mass spectrometer in the Keck lab at the University of 

Arizona. Loading procedures are described in Chesley and Ruiz (1998). 

The most difficult part in this procedure is extraction of very low concentrations of Os from the 

solutions in the carius tube. Problems arise because the samples are sulphides, thus dissolved 

sample solutions are very reduced due to large quantities of sulphur in solution. Theoretically, this 

can inhibit spike and sample equilibration. Therefore, we use a reverse aqua-regia (one that has 

more parts nitric then hydrochloric) and peroxide solutions in the carius tube to increase the 

amount of O in the solution. Our experiments show that use of these extra oxidizing agents 

enhances spike/ sample equilibration. We have also found that addition of peroxide during 

distillation improves the quality of the beams during analysis.   

Due to the low concentration of Os in the samples analysed, the concentration of the Os blank has 

a profound effect on the data. For instance, if a sample has 10ppt, and we dissolved 1 gram of 

sample with the blank varying from 1 to 1.5 picograms, the measured ratios will have at least a 

10% correction. This error is an order of magnitude or more then the counting statistics of the 

machine. Therefore, all reported values take account for this error by reporting the deviation of 

the isotopic ratios when the change of the blank is considered. The Re blank is not significant 

since the concentration of the blank has remained relatively constant at 20-35 picograms, and the 

samples analysed normally contain > 400 picograms Re.  
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Over the three years of analysing Os, the blanks have dropped considerably because improved 

cleaning procedures and overall chemistry. Table 1 illustrates the total procedural blanks (addition 

of spike in the carius tube) for the three years. Regardless of the concentration of Os, the 

measured 
187

Os/
188

Os remained constant through time between 0.175-0.18. In order to isolate 

where the blank resides, Os was measured in various amounts of acid, different parts of the 

distillation process, and the platinum filaments used. None of the individual tests provided a clear-

cut source for the blank. Thus, the blank could reside in the carius tube, or could represent the 

cumulative effect of the whole process.  

Table 1 Total procedural blanks for all of the Re-Os studies 

Date Os (pg) Re (pg) 

Dec. 1997 6 31 

Apr. 1998 4 38 

Aug.1998 3 37 

Oct. 1998 2 29 

Apr. 1999 2 38 

Jun. 1999 2 39 

Oct. 1999 2 36 

Feb. 2000 0.9  

Feb. 2000 1.3 25 

Jun. 2000 2.2 12 

Loading Carius Tubes 

Since we modified the procedure slightly for analyzing sulfides for Re-Os the following is a 

protocol for loading the carius tubes, running the distillations, and cleaning the savellix. The 

materials needed are listed and the processes are described in detail below.  

Materials and procedure for loading carius tubes: 
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1. Carius tube 

2. 3 times distilled nitric acid 

3. Re, Os spikes 

4. Snap lid 5 ml vail 

5. pipette and tips 

6. glass funnels 

7. liquid nitrogen 

8. 3 times distilled hydrochloric acid 

9. hydrogen peroxide 

10. alcohol 

11. flask for freezing ct 

12. 12 ml falcon tubes 

13. 4 x 4 weighing paper 

14. torch and lighter 

15. oven 

16. metallic pipe bomb 

The first step in loading carius tubes is labeling each tube. Normally six tubes are used, and glass 

funnels are placed in the nose of the tube to facilitate addition of acids and samples. Weigh out the 

sample by placing it on the weighing paper.  Gently pour the sample in the glass funnel by slowly 

tapping the sides of the weighing paper. Prepare the nitric, hydrochloric, and peroxide in 12 ml 

falcon tubes. The amounts of acid used depends on the sample size (Table 2). The maximum 

amount of acids used without exploding the carius tubes is about 30ml of total fluid (or about half 

of the carius tube is full), which limits the amount of sulfide sample to a maximum of two grams. 

Some attempts of greater then two grams of sample did not yield the amount of predicted Os, thus 

indicating that sample and spike did not equilibrate at any point during the procedures. When 

attempting samples of greater then 0.5 grams, use larger carius tubes. The amount of pressure in 

tube increases drastically when dissolving more sample, since additional sulfur gas is produced in 

the tube.  
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Table 2 Estimated amount of sample and acid needed 

Amount of Sample (g) HCl (ml) HNO3 (ml) H2O2 (ml) 

0.01 - 0.5 6 2 2 

0.5- 1.5 12 4 4 

1.5- 2.0  18 6 6 

After samples are in the carius tube freeze the alcohol bath by adding liquid nitrogen into the flask 

for freezing carius tubes. Add enough liquid nitrogen until the alcohol comes to a slurried state, 

then put the carius tube in the bath. Weigh the Os spike in the snap lid 5 ml vail, then the Re spike 

in the same vial. For spiking amounts refer to (Table 3). In order to reduce contamination, the 

spikes used for loading are kept in 7ml threaded vials, rather then taking the spike from the 1 liter 

bottle. 

Pipette the spikes into the carius tube via the funnels, then pour the hydrocholric acid in the 5 ml 

snap lid to rinse the savillex. Pippette at least 2ml of hydrochloric acid (using the same pipette tip) 

into the carius tube to ensure that the spike is in the carius tube. Completely freeze spikes, and 

hydrochloric acid, you can add more liquid nitrogen if the mixture is not cold enough. After 

frozen add the nitric and peroxide and freeze these.  

Once the acids are frozen, seal the nose of the caius tube with the torch by warming the nose of 

the tube with a blue flame and then seal by increasing the temperature of the flame and focusing 

on the opening of the carius tube. Rotate the tube at a constant pace throughout the sealing 

procedure. Immediately place the carius tube in the hood after sealing. If the seal was not good 

enough or the sample becomes very reactive the seal can break and acid will flow out of the tube. 

After the samples have warmed to room temperature (which is about 2 hours after sealing), put 

the samples in a metallic pipe bomb (size of the pipe bomb depends on the size of the carius tube). 

Place pipe bombs in the oven overnight at 200°C.  
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Table 3 Estimated amount for spikes for various types of ore deposits 

Deposit type sample (g) Approx. Os Os spike (g)τ Approx. Re Re spike 
(g)υ 

Low concentration 1 to 2  6-50 ppt 0.007 to 
0.009 

200-10000 
ppt 

0.2 - 1 

Porphyry Copper      

Massive sulphides 0.5 to 1 20-900 ppt 0.01 to 0.04 100-1000 
ppt 

0.2 - 0.6 

Au rich systems 0.1 to 0.5 70-1000 ppt 0.02 to 0.1 200-20000 
ppt 

0.2 - 2 

Arizona wulfenite 0.5 to 1 20-150 ppt 0.01 to 0.04 200-900 ppt 0.2 - 0.5 

Magmatic magnetite 0.5 to 1.5 15-400 ppt 0.007 to 0.02 100-2000 
ppt 

0.1 - 0.3 

Chilean Mantos 0.5 to 2 6-50 ppt 0.006 to 0.01 100-10000 
ppt 

0.2 - 1.2 

Porphyry 
Molybdenite* 

0.04 to 0.1  0.1 to 0.4  0.3 - 0.7 

τ
- Concentration of Os spike is 1.11 nanograms per gram, the spike is enriched in 

190
Os 

υ
- Concentration of Re spike is 6.72 nanograms per gram, the spike is enriched in 

185
Re 

*- Molybdenite spikes are higher concentrations of similar spikes of Os milligrams 

  per gram and Re milligrams per gram 

Distillation 

Materials and procedure for distillation: 
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1. 6- 64ml threaded Teflon vials with distillation caps 

2. 6 medium, threaded 120ml Teflon jars   

3. 6- threaded 17ml Teflon flat-bottomed vials 

4. 10 feet FEP heavey walled tubing 1/8 

5. Teflon boiling chips 

6. aluminium foil  

7. 6 Falcon tubes with 5 ml 3 times 8N nitric acid 

8. hydrogen peroxide   

9. Nalgene tubing 1/41D, 3/8 OD, 1/16 W 

10. 6 10cc popropylene glass syringe 

11. HBr 

12. Stand-two types (Picture 2)  

13. Tupperware rectangular box at least 5 inches deep  

14. 6 Falcon tubes (with punctured lids) 

15. 12 Twisty ties 

16. metal rod to score carius tubes 

17. liquid nitrogen and flask with alcohol 

18. ice 

19. 6 1-22ul pipette tips 

20. Exacto knife and scissors 

21. Nitrogen tank and regulators 

22. Flat thermomenter 

23. Aluminum block (machined to fit distillation sav.) 

24. Chem. Wipes 

25. Y connectors 

26. Hot plate 

27. 1000ml Beaker for carius tubes to warm 
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The key to a successful distillation is to have all of the material prepared and assemble them 

slowly. This protocol will highlight each step thoroughly. First, prepare the 6-64 ml distillation 

savillex by threading the tubes with enough tubing (FEP heavy walled), so that when closed the 

tubing nearly touches bottom of savillex tube.  Since the fit of the tubing can be very tight, cut the 

tubing on an angle and slightly wet it (with MQ) so as to ease the process of threading the tubes. 

Set the distillation savellix in the aluminium block and put it on the hot plate. 

Next prepare the 6 glass syringes with peroxide that will be added to the distillation. Put about 

12ml of peroxide into a falcon tube. Grab the syringe (plunger completely compressed), and tilt 

the falcon tube to nearly horizontal to the lab counter. Slowly draw 3-5 ml of peroxide from the 

falcon tube to the syringe. After all six syringes are filled, cut 6 one-inch pieces of Nalgene 

tubing. Connect the syringe to a branch on the Y connection. Next, connect the one-inch tubing to 

the stem of the connection put a 1-200µml pipette tip in the end of the Nalgene tubing. Connect 

the last branch of the Y connection to the nitrogen flow. Use the twisty ties to attach the syringes 

to the post in an upright position. Put the nose of the pipette tip in the tubing of the distillation 

savellix. 

Finish making the connections for the distillation by preparing the HBr. Puncture the lids of 6 

falcon tubes with scissors. Place these flacon tubes in the custom made Tupperware bin, and set 

this on a stand. Cut 6 1-foot long pieces of FEP heavy walled tubing with the exacto knife. 

Connect tubing with the other end of the distillation savellix and the punctured lid of the falcon 

tubes that are in the custom made Tupperware. Take the lid off of the Tupperware and fill the bin 

half full with ice and water mixture (add enough ice to keep water cold for at least three hours). 

Carefully add 8-9 ml of HBr to the Falcon tubes that are sitting in the ice bath. After all six are 

filled, turn the nitrogen and slowly bleed the nitrogen gas until the HBr in the Flacon tubes is 

bubbling. 

Next, open the carius tubes. Prepare a bath in 1000 ml beaker for the carius tubes to warm in, get 

the beaker and fill with ice and water mixture about 2/3 full. Freeze the carius tubes, this can be 
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done two ways, either directly emerging the tubes in liquid nitrogen, or freezing the alcohol bath. 

After the tube is completely frozen, score the nose around the perimeter of the carius tube. Place 

carius tubes in the hood and break the nose of the tube along the place where it is scored. Place 

the cracked tubes in the water bath in order to warm them. Some samples tend to be reactive when 

opening, so watch the tubes warm. While the carius tubes warm to room temperature (usually 10 

minutes or so) place 10-20 small Teflon boiling chips in the bottom of the distillation beaker. 

Once the tubes have warmed take carius tube out of the bath with a chem. wipe and carefully pour 

contents in the distillation savillex. In order to reduce contamination, place a chem. wipe on the 

tops of the other distillation savillex. Then, place the lid of the savillex which you are adding the 

sample on the chem. wipe. Proceed with this process quickly as to ensure that no Os has become a 

volatile and lost. Rinse the carius tube with 5 ml 8N nitric in the falcon tube, and swirl acid in the 

tube and pour the contents into the distillation beaker. In order to add the nitric without spilling 

acid, pour slowly. After loading six tubes, check each HBr falcon tube to assure that they are 

receiving nitrogen and bubbling, and then wait for at least 10-15 minutes. During this time the 

HBr might become slightly discoloured to an almost chocolate brown. After 15 minutes slowly 

add the peroxide. Some solutions become very reactive during this step, so proceed with care and 

be prepared to change the nitrogen flow with each one of the regulators. Wait another 10-15 

minutes after adding peroxide before raising temperature. Raise temperature of the aluminium 

block to about 110°C. At about 30-40°C the solutions become reactive again because of O release 

so be careful when regulating the nitrogen flow. Let the experiment distil for at least 1 hour at 

110°C. Watch the experiment to make certain that nitrogen flow is constant throughout the 

experiment, condensation commonly occurs on the lids of distillation beakers and inhibits proper 

flow of nitrogen and potentially OsO species 

Prepare the savellix for the Re and Os solutions. Record and label the Os (17ml threaded Teflon 

vial) and Re (medium 120ml jar) savillex. Wrap Teflon tape around the lids of the Os savillex. 

After 1 hour at 110°C turn the temperature off and take the HBr solutions out of the Falcon tube 
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and place in Os savillex and wait until block cools completely before placing Re solution in Re 

beaker. Place the Os savillex under heat lamp at 80°C for at least 3 hours, then remove lid and dry 

down overnight. Uncap the cooled Re solutions and dry down overnight. 

Microdistillation 

Materials and procedures for microdistillation: 

1. Conical sav. 

2. 1 time distilled HBr 

3. Pipettes and tips 

4. Chromerge(CrO3) 

5. Aluminum foil 

6. Thermometer 

We follow the method in Roy-Barman et al. (1998). Open the conical savillex and piptte about 

0.015 to 0.016ml of Hbr into the tip of the conical. Open the Os (17ml) savillex and pipette in 

about 0.025-0.028ml of chromerge in the base of the savillex. Pipette the chromerge out of the 

17ml Os beaker and place on the lid of the conical savillex. Carefully screw the conical part to the 

lid (have the lid facing up so as not to move the chromerge). Wrap aluminium foil around the 

conical, and place conical savillex on hot plate and turn heat to 80°C.  Let the experiment sit at 

temperature for at least 2 hours. After two hours take foil off and carefully unscrew lid. Place the 

conical part of the savillex in the dry box and wash the chromerge on the lid with MQ. 

Cleaning Procedures 

All savillex experience a four stage cleaning procedure. After use all saveillex are rinsed with MQ 

water, and then nitric acid is added in the containers. They are placed on a hot plate and heated for 

at least two days. The exception to this part of the cleaning is the Os conicals, HBr is used in this 

step rather then nitric. After two days or more, the acid is discarded and the savillex is placed in a 

sulphuric bath (this bath also has a one package of NoChromix added). Savillex are kept in the 
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sulphuric bath for 2 days or more.  

Next the savillex are taken out of the sulphuric acid and thoroughly rinsed with MQ water and 

placed in a bath of nitric acid. This bath is heated and they are kept in the bath for a few days. 

Finally, the savillex are taken out of the nitric and rinsed with MQ water and placed in a MQ bath. 

Once out of the MQ water the savillex are wrapped in Saran Wrap for storage. 
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