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Abstract: In this report, the electrical properties of plasma polymer films functionalized with ZnO
nanoparticles were investigated with respect to their potential applications in biomaterials and
microelectronics fields. The nanocomposite films were produced using a single-step method that
combines simultaneous plasma polymerization of renewable geranium essential oil with thermal
decomposition of zinc acetylacetonate Zn(acac)2. The input power used for the deposition of
composites were 10 W and 50 W, and the resulting composite structures were abbreviated as Zn/Ge
10 W and Zn/Ge 50 W, respectively. The electrical properties of pristine polymers and Zn/polymer
composite films were studied in metal–insulator–metal structures. At a quantity of ZnO of around
~1%, it was found that ZnO had a small influence on the capacitance and dielectric constants of
thus-fabricated films. The dielectric constant of films with smaller-sized nanoparticles exhibited
the highest value, whereas, with the increase in ZnO particle size, the dielectric constant decreases.
The conductivity of the composites was calculated to be in the in the range of 10−14–10−15 Ω−1 m−1,
significantly greater than that for the pristine polymer, the latter estimated to be in the range of
10−16–10−17 Ω−1 m−1.

Keywords: electrically insulating coatings; polymer–nanoparticle composites; dielectric
characteristics; biomaterials; renewable geranium oil; plasma-assisted technique

1. Introduction

Recent progress in material technologies have resulted in the development of a multitude of
preparation approaches and potential applications for novel polymer–nanoparticle composite films.
The properties of these composite materials are often superior to that of pristine polymer films, allowing
them to display greater mechanical strength, high elastic modulus, large surface areas, enhanced
density, and controlled optoelectronic properties [1,2]. Among all composites, metal/plasma polymer
composite films have revealed interesting optical, electrical, and biological properties [3]. These
nanocomposites remarkably merge advantages of low-dimensional organic films with a great surface
area of embedded nanoparticles, offering a wide range of possible applications [4,5]. A specific
application highly depends on the inherent properties of the polymer and the unique surface electronic
structure of the embedded nanoparticles.

In the biomedical field, the in vivo applications of electronic devices is experiencing a strong
growth due to their unique diagnosis and treatment capabilities [6]. However, many of the currently
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used implants (designed for both short and long term usage) need to be properly isolated/protected
from interacting with biofluids once they are inserted into living systems [7]. Prominent examples
include an artificial cardiac pacemaker, a battery-powered device that assists the heart in maintaining
a regular rhythm, and other practical devices for sensing and drug delivery functions [8]. As these
implants require electrical power to operate, an insulating material is often used to prevent any
electrical interference with adjacent bio-objects (e.g., muscles, bones, etc.) [9]. Furthermore, other
devices are implanted in/near electrically active tissues, such as in the spine and brain [10]. Hence,
proper insulating coatings are required to ensure that no electrical leaks take place from or to the
device as these may interfere with proper device functioning or pose local or systemic health risks to
the patient.

From the perspective of cell-surface interactions, it is often necessary to ensure adequate
antimicrobial activity of the insulation coating to minimize the risk of implant-associated infections by
reducing bacterial colonization and subsequent formation of active biofilms. Indeed, a diversity of
opportunistic pathogens can initiate ‘implant-associated infections’, with the likelihood of the infection
determined by various factors including the type of the device and other conditions of the surgical
site [11]. It has been estimated that, in the United States, direct costs for healthcare-related infections
ranging from US $28 billion to $45 billion in 1 year with a rise of 60% of these being connected to the
use of synthetic medical devices [12].

The development of multifunctional surface coatings that reveal both insulation and antimicrobial
properties could be accomplished through the use of metal/polymer nanocomposite films. In our
previous study [13], a novel nanocomposite film was fabricated from ZnO nanoparticles (NPs) and
renewable geranium oil using a single-step plasma-enabled approach. We demonstrated that a
significant antibacterial activity could be achieved by incorporating a low concentration (~1%) of
zinc oxide nanoparticles into inherently antibacterial geranium thin films [13]. In this report, we
investigated the electrical properties of ZnO/geranium polymer (Zn/Ge) films with the intention
to design composite coatings, which are electrically insulating and biologically active, serving as a
relevant material for encapsulation of microelectronic systems and implantable devices. The electrical
characteristics of such composites primarily rely on both the metal volume fraction and the chemical
structure of the polymer, where the doping level of the composite is typically determined by the filling
factor [14]. Therefore, the electrical characteristics of the fabricated ZnO/Ge composites were studied
using percolation theories.

2. Experimental

2.1. Precursor Materials

Geranium essential oil (an oil rich in secondary plant metabolites) was purchased from Australian
Botanical Products (ABP, Victoria, Australia) and used in the as-received condition. The precursor is a
multi-component mixture that contains various hydrocarbon-rich components with broad spectrum
antimicrobial activity (e.g., citronellol and geraniol) [15,16]. Geranium essential oil was selected as
a precursor due to its high volatility at room temperature, which ensures no external heating or
transporter gases is needed to carry the precursor molecules to the deposition region of the chamber.

Zinc nanoparticles were formed from zinc acetylacetonate Zn(acac)2. Zn(acac)2 hydrate powder,
which is a reasonably low-priced and commercially available Zn source. It was purchased from
Sigma-Aldrich (Darmstadt, Germany) and was used without further modification. Zn(acac)2 compound
was chosen owing to its relatively low decomposition temperature. This property, in particular, renders
it suitable to be used for gas phase nanoparticle formation within the plasma polymer system without
the need for any catalyst [17].
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2.2. Material Fabrication

Prior to sample fabrication, substrates (typically glass slides (26 mm× 76 mm)) were cleaned and
sonicated in a bath of water and commercially available decon for 20 min. Then, the substrates were
washed by acetone and dried out using compressed air. Aluminum electrodes were fabricated on
the top of the glass slides utilizing thermal evaporation instrument (HINDHIVAC 12A4D, Bangalore,
India) under a vacuum of 7 × 10−5 torr. Pristine polymers and ZnO/polymer thin films were fabricated
on the aluminum layer employing a modified plasma-enhanced chemical vapor deposition (M-PECVD)
technique (MKS Instruments, Andover, MA, USA), as presented in Figure 1. A radio frequency, RF,
signal generator (13.56 MHz) delivered power to a glass tube via a pair of external electrodes (made
of copper). In the case of composite preparation, the system was modified with an external heater
to achieve thermal decomposition of Zn(acac)2 powder (0.05 g), which was positioned inside the
glass tube. Zinc oxide nanoparticles were generated in the vapor phase and incorporated within the
polymer matrix as it grew. A quantity of 0.5 g of geranium oil was used in each deposition to yield a
film thickness of around ~500–700 nm, with the monomer flow rate estimated to be approximately
16 cm3/min. Finally, another aluminum electrode was deposited on top of the result polymer films
using a copper shadow mask that produced the required configuration for the metal–insulator–metal
(MIM) structure, as presented in Figure 1.
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Figure 1. Schematic representation of the modified-plasma system used to manufacture plasma
polymer/ZnO films. The metal–insulator–metal (MIM) design that was used to investigate the electrical
properties of the resultant composites is also shown.

All thin films were derived from geranium essential oil at input power 10 W and 50 W, so the
resulting pristine polymers were termed as Ge 10 W and Ge 50 W, while the counterpart ZnO-polymers
were termed as Zn/Ge 10 W and Zn/Ge 50 W, respectively.

2.3. Electrical Measurements

Dielectric properties of the resultant MIM devices were investigated between frequencies of 10 Hz
and 100 KHz using a Hioki 3522 LCR meter (Hioki, Ueda, Japan). From estimated the thickness and
area of the device, and measured C values, dielectric constant was calculated. Besides, current–voltage
(I–V) measurements were conducted on the MIM structures by employing a Keithley 2636A source
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meter (Keithley, Cleveland, OH, USA). Data were recorded between 0 and 20 V, with steps of 0.2 V for
each point, at room temperature.

3. Results and Discussion

Figure 2a clearly shows that ZnO NPs were formed in a ball-like structure. The average particle
size was 60 nm and 80 nm for the samples fabricated at 10 W and 50 W, respectively. Furthermore,
we observed some unavoidable aggregations of nanoparticles within polymers due to high cohesive
energy of metals, as seen Figure 2b. These aggregations statistically represented less than 10%
of the overall number of nanoparticles. Figure 2c,d show the bacterial viability of gram-negative
Staphylococcus aureus cells when seeded on the surfaces of control (sterilized glass substrates) and
composite films, respectively. It was found that around 80% of S. aureus cells were active on the control,
while the viability of the counterpart cells were almost 31% and 42% on Zn/Ge 10 W and Zn/Ge 50 W,
respectively. These results indicate a significant antibacterial activity of Zn/Ge 10 W samples owing to
a combination of inherently antibacterial properties of the polymer film and the presence of ZnO NPs
within the matrix of the polymer. The atomic force microscopy image (AFM) in Figure 2e shows that
the pristine polymer was uniform and smooth, with an average roughness of 0.25 nm for an input
power of 10 W. In contrast, composite films revealed a porous surface, as seen in Figure 2e, with a
random distribution of ZnO NPs, where the average roughness was at 33.7 ± 2.1 nm for the input
power of 10 W. SEM and AFM data were briefly presented in this report only to demonstrate that
the material contained ZnO NPs with antimicrobial properties. A more in-depth investigation of
the release of ZnO NPs and morphological, surface, chemical, and antimicrobial properties of Zn/Ge
composites films can be found in our previous report [13].
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Figure 2. Properties of plasma polymer/ZnO composite films. (a) SEM image of ZnO NPs (~70–80 nm)
embedded within a nanocomposite thin film acquired at ×9.0 k magnification. (b) SEM images of
aggregation of some ZnO NPs presented in the composite acquired at ×22.0 k magnification. (c) and
(d) SEM images of S. aureus cells cultured for 24 h (at 37 ◦C) on surfaces of control and Zn/Ge 10 W,
acquired at ×40.0 k and 45.0 k magnification, respectively. Sterilized cover glass substrates were used
as a control in all biological experiments. (e,f) Three-dimensional AFM images of pristine polymer and
ZnO/composite surfaces measured at a scanning area of 50 µm × 50 µm.

As the antibacterial properties were confirmed, studying the electrical properties was essential to
ascertain the potential of this material as an encapsulation coating for microelectronic systems and
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medical implantable devices. The electric characteristics of pristine and composite polymer films were
measured using capacitance measurements. The data were obtained utilizing an LCR device across a
wide range of frequencies between 10 Hz to 100 KHz. In Figure 3, it can be seen that the capacitance
values for pristine and composites films were approximately 10−9 and 10−10 F, which sharply decreased
at low frequencies, approaching a constant value of around 10−10 F at high frequencies for all tested
films. Regardless of frequency, presence of ZnO nanoparticles or the RF power used for film deposition
had only a minor effect on the capacitance value of the pristine and composites films.Materials 2019, 12, x FOR PEER REVIEW 5 of 12 
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Figure 3. Capacitance measured for pristine and composites plasma geranium thin films fabricated at
10 W and 50 W as a function of frequency in the range of 10–100 kHz.

The subsequent dielectric constant of the pristine and composite thin films was calculated as a
function of the given frequency and the results are presented in Table 1. For all samples, the value
of dielectric constant decreased with the increase of frequency for different power of deposition. At
the high frequency range (104 Hz), the decreasing trend was not too sharp as compared with the
lower frequency region. The decrease trend was more noticeable in ZnO/Ge composite films, since
the dielectric constant inherent to ZnO nanoparticles also decreased with increasing frequencies of
the applied voltage. However, no percolation behavior was noticed for the permittivity, which was
observed in other studies for ZnO nanoparticles integrated within polymers [18].

Table 1. The dielectric constants of pristine and composite polymer coatings manufactured at 10 W
and 50 W.

Frequency (Hz) Dielectric Constant

10 W 50 W Zn/Ge 10 W Zn/Ge 50 W

10 5.75 4.74 4.12 4.04
100 4.73 3.38 3.57 3.87
500 4.48 3.03 3.42 3.72

1000 4.4 2.93 3.37 2.64
10,000 4.17 2.66 2.06 2.35
50,000 3.69 2.37 2.98 2.73

100,000 3.05 2.04 2.78 2.42

SEM images showed that the ZnO nanoparticles were not ideally distributed within the polymer
matrix, but rather were touching other particles creating interfaces between ZnO nanoparticles. It had
been hypnotized that the interface dipole moments originate from the electrons that are confined at the
ZnO/ZnO interface electronic states [18]. Indeed, the energy levels of ZnO/ZnO were dissimilar to those
of ZnO/polymer interface states, where the electrons in those states respond to different frequencies.
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Hence, the interface dipoles related to ZnO/ZnO interfaces were possibly responsible for the variation
in the dielectric constants values especially at low frequencies.

In order to theoretically estimate the contribution of the dielectric constant of pure ZnO
nanoparticles to that of the composite, we used the modified Rother–Lichtenecker equation. The
measured dielectric constant is given by the relation [19]:

εmeasured = exp [ln ε1 + f 2(1 − k) ln (ε2/ε1)] (1)

where εmeasured, ε1, and ε2 represent the dielectric constant of the ZnO/Ge composite, the polymer
medium, and the ZnO nanoparticle, respectively, f 2 represents the volume fraction of the ZnO
nanoparticle, and k is the shape dependent factor (k = 0.5).

Considering the differences in the particles size (as ~60 nm particles formed at 10 W and ~80 nm
formed at 50 W), the dielectric constant for ZnO NPs was evaluated at room temperature to be ε = 6.7
and ε = 6.1, respectively. It can be understood that the dielectric constant of smaller-sized nanoparticles
exhibited a higher value, whereas, with an increase in particle size, the dielectric constant decreased.
This is in agreement with previous findings [19]. In contrast, other studies reported that the dielectric
constant increases with an increase in the size of nanoparticles [20]. The dielectric constant of pure
ZnO NPs can be varied depending on the experimental conditions; for example, it was measured to be
around ~10 at high frequency region (for particles size of 20 to 35 nm at 30 ◦C) [21]. The calculated
dielectric constant in the current study could be slightly different from the real value. This discrepancy
is not unusual. It is understood that ZnO has a typical metal excess defect, where oxygen is easily
adsorbed on the surface of ZnO, resulting in the creation of high resistivity covers (as Schottky barriers)
on the surface of the ZnO particles [22]. The bigger the ZnO particle, the smaller the ratio of surface
area to particle volume. Accordingly, ZnO nanoparticle retains a larger dielectric constant. In addition,
it is worth to mention that the Rother–Lichtenecker equation is valid for ideal well-dispersed particles.
The non-ideal distribution of nanoparticles through the geranium polymers and the dissimilarities the
particles dimension/shape could affect the accuracy of the results.

Figure 4 displays the variation of current density (J) in the pristine and composite polymer films
as a function of the applied voltage (V) for materials produced at 10 W and 50 W. The current density
(J) of the films is calculated through Equation (2) [23,24]:

J = J0 exp
(
βV0.5

KbTd0.5

)
(2)

where, J0: the low field current density, V: applied voltage, T: absolute temperature, kB: Boltzmann’s
constant, and d: thickness of the film. The factor β represents the field dropping coefficient for
Richardson–Schottky (RS) conduction or Poole–Frenkel (PF) conduction mechanisms, which is given
by [25] as:

2βRS = βPF =

(
q3

πε0εr

)1/2

(3)

where, q: the electronic charge, ε0: the free space permittivity, and εr: the dielectric constant. The
parameters βPF and βRS are the field dropping coefficient for Poole–Frenkel and Richardson–Schottky
conduction respectively.
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Figure 4. Density (J) of pristine and composite polymer films manufactured at 10 W and 50 W as a
function of applied voltage (V).

DC conductivity (σ) of the pristine and composited films was estimated using the current–voltage
data through the following relation:

σ = Jd/V (4)

where, d: the thickness of the film, J: is the calculated current density, and V: the applied voltage. The
conductivity for the composite films were measured in the range of 10−14–10−15 Ω−1 m−1, compared to
pristine polymer films that revealed the conductivity of 10−16–10−17 Ω−1 m−1.

In nanoparticles/polymer composites, there is a critical volume/weight concentration of fillers
known as the percolation threshold. According to percolation theory, when the content of conductive
filler is near the percolation threshold, the fillers connect with each other to build a continuous
conducting pathway, providing the potential for electrons/carriers to transport among the fillers [26].
Thus, the composite always reveals a rapid increase in electrical properties [27]. The percolation
threshold is determined by the filler shape, size distribution, interlayer thickness, temperature,
physicochemical properties, and applied external field [28]. Yet, the correlation between the filler
concentration and conductivity of the composite is not fully understood [29].

The conductivity (σ) near the percolation threshold (φc) can be given by the following power law:

σc = σ f (∅ f −∅c)
t (5)

where, σc: electrical conductivity of the composites, σf: the conductivity of the filler, φf: the volume
portion of the filler, φc: the percolation concentration, and t: the critical exponent (a parameter
determining the power of the conductivity based on φc). The critical exponent t depends on the
dimension of the tested system, and is set between 1.6 and 2 for the three-dimensional structure. The
value of ∅c was adjusted until the best linear fit was achieved in log σ vs. log σ (∅ f −∅c). The range
of critical exponent values fitted from experimental data achieved by different studies indicate that the
t is not universal, as it varied in the range of 0.9 to 2 [30–32].

Based on the percolation threshold equation, we estimated the percolation threshold of Zn/Ge
composites to be ~2.67%. It is clear that the Zn/Ge composites did not reach the percolation threshold
since the conductivity was kept at relatively low values (10−14 Ω−1 m−1), rather than increasing rapidly
with the addition of the particles. The relative increase in conductivity after introducing ZnO NPs
could be linked to the increase in the number of dipoles, where the reformation of trap structure is
induced by ZnO nanoparticles. This suggests that the formed composites do not follow the behavior of
such structures as 2D or 3D conducting particles, but show more complex charge tunneling transport
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mechanisms that govern their conductivity [33]. The electrical conduction could also increase due to the
electronic and impurity contributions arising from the zinc precursor during the thermal breakdown
of zinc acetylacetonate (Zn(acac)2).

Some studies showed that the percolation threshold for conductivity of the ZnO/polymer system
to be 15 wt.% of the polymer volume fraction [34]. Different researchers found the percolation
concentration to be 2.8 vol% (ZnO = 200 nm) [35], and 0.05% for ZnO nano-rods (d = 400 nm and
L = 2 µm) [36].

As shown in Figures 5 and 6, the fitting result of ln(J)–(V1/2) and ln(J)–ln(V) indicates that the
conduction mechanism in the high voltage range could be related to the Richardson–Schottky (RS) or
Poole–Frenkel (PF) conduction. Furthermore, the fitting of lnJ vs. lnV for all manufactured polymer
and composites demonstrates a similar behavior as those in lnJ vs. V1/2. By observing power law index
rates and the linear fitting of the J–V plots for pristine polymer that was previously reported in [37],
the Schottky mechanism could specifically dominate the charge transport of geranium polymers in
the higher field region. It suggests that the ZnO NPs did not significantly affect the transport at high
fields, but may indirectly change the carrier transport properties at lower fields. This outcome is
expected since the ZnO NPs incorporated within the matrix were at low concentration (below the
percolation threshold).
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Figure 5. Density lnJ with the square root of applied voltage for pristine and composite polymer films
manufactured at 10 W and 50 W.

These results provide a potential pathway to adjust the bulk and surface properties of other
plasma polymers that have previously been shown to display antibacterial activity [38–41] or attractive
optoelectronic properties [42–45]. For example, plasma polymerized γ-terpinene thin films have
shown sufficient optical transparency and photostability to be used for the encapsulation of PCPDTBT:
PC70BM solar cells to prevent loss of efficiency [46,47], whereas polymers derived from terpinen-4-ol
and linalool have been proposed as insulating interlayers in flexible electronic devices [48,49]. It
can also potentially provide the means for in situ functionalization of vertically aligned graphene
networks that have been fabricated from essential oils using the same plasma set-up [50,51] to improve
their properties for such applications as sensing and energy storage. Indeed, there is a large range of
materials that can be fabricated using plasma-enabled techniques [52–54], with an equally broad range
of potential applications spanning medicine, electronics, energy and other fields [55–58].
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Figure 6. Density lnJ with lnV for pristine and composite polymer films manufactured at 10 W and
50 W.

4. Conclusions

The electrical properties of pristine and ZnO doped plasma polymerized geranium oil-derived
thin films were systematically investigated across the frequency range of 10 Hz to 100 KHz using
metal–insulator–metal structures. The dielectric constant value was found to diminish with increasing
RF input power for all samples. Irrespective of the RF power, the studied samples had almost the
same frequency dependence on the dielectric constant, as it quickly declined within the low frequency
zone. In addition, the mechanism of charge transport was examined via the typical current−voltage
approach, which showed that the Schottky mechanism possibly dominants the charge transport in
the higher field region. The resultant material demonstrated a moderately low conductivity value
(10−16–10−17 Ω−1 m−1), establishing characteristics of a classical insulator. Incorporation of ZnO
nanoparticles into the geranium polymer thin films did not change the nature of charge transport, as
the nanocomposite films still behave as an insulator. The aforementioned properties, in addition to
the antibacterial activities and other valuable features of Zn/Ge thin films (e.g., low density, relatively
strong adhesion to substrates, and the high optical energy gap) introduce them as an appropriate
candidate for various dielectric needs in innovative microelectronics.

Author Contributions: A.A.-J. manufactured the pristine and composite films, achieved the electric measurements,
interpreted and analyzed the data and wrote the draft manuscript. A.K. helped in the DC measurements and AFM
data. K.B. directed the research and assisted in the interpretation of the results. M.V.J. coordinated and guided the
overall preparation of the manuscript. All authors substantially contributed to the work, agreed on the results and
edited the manuscript.

Funding: This research was funded by the Australian Research Council grant number DE130101550.

Acknowledgments: A.A.-J. is grateful to the Ministry of Higher Education and Scientific Research, Iraq and
JCUPRS for the financial support.

Conflicts of Interest: The authors declare no conflict of interest.

References

1. Zhou, M.; Li, Y.; Jeon, I.; Yi, Q.; Zhu, X.; Tang, X.; Wang, H.; Fei, L.; Sun, Y.; Deng, S.; et al.
Enhancement of Low-field Magnetoresistance in Self-Assembled Epitaxial La0.67Ca0.33MnO3:NiO and
La0.67Ca0.33MnO3:Co3O4 Composite Films via Polymer-Assisted Deposition. Sci. Rep. 2016, 6, 26390.
[CrossRef] [PubMed]

http://dx.doi.org/10.1038/srep26390
http://www.ncbi.nlm.nih.gov/pubmed/27381661


Materials 2019, 12, 3099 10 of 12

2. Zhang, R.-C.; Sun, D.; Zhang, R.; Lin, W.-F.; Macias-Montero, M.; Patel, J.; Askari, S.; McDonald, C.;
Mariotti, D.; Maguire, P. Gold nanoparticle-polymer nanocomposites synthesized by room temperature
atmospheric pressure plasma and their potential for fuel cell electrocatalytic application. Sci. Rep. 2017, 7,
46682. [CrossRef] [PubMed]

3. Wang, X.; Grundmeier, G. Thin Functional Plasma Polymer and Metal/Plasma Polymer Nanocomposite Films.
Ph.D. Thesis, Ruhr-Universität, Fakultät Maschinenbau, Institut für Werkstoffe, Bochum, Germany, 2007.

4. Javid, A.; Kumar, M.; Yoon, S.; Lee, J.H.; Han, J.G. Size-controlled growth and antibacterial mechanism for
Cu:C nanocomposite thin films. Phys. Chem. Chem. Phys. 2017, 19, 237–244. [CrossRef] [PubMed]

5. Müller, K.; Bugnicourt, E.; Latorre, M.; Jorda, M.; Sanz, Y.E.; Lagaron, J.M.; Miesbauer, O.; Bianchin, A.;
Hankin, S.; Bölz, U.; et al. Review on the Processing and Properties of Polymer Nanocomposites and
Nanocoatings and Their Applications in the Packaging, Automotive and Solar Energy Fields. Nanomaterials
2017, 7, 74. [CrossRef] [PubMed]

6. Ouyang, H.; Liu, Z.; Li, N.; Shi, B.; Zou, Y.; Xie, F.; Ma, Y.; Li, Z.; Li, H.; Zheng, Q.; et al. Symbiotic cardiac
pacemaker. Nat. Commun. 2019, 10, 1821. [CrossRef]

7. Howell, C.; Grinthal, A.; Sunny, S.; Aizenberg, M.; Aizenberg, J. Designing Liquid-Infused Surfaces for
Medical Applications: A Review. Adv. Mater. 2018, 30, 1802724. [CrossRef]

8. Cingolani, E.; Goldhaber, J.I.; Marbán, E. Next-generation pacemakers: From small devices to biological
pacemakers. Nat. Rev. Cardiol. 2018, 15, 139. [CrossRef]

9. Teo, A.J.; Mishra, A.; Park, I.; Kim, Y.-J.; Park, W.-T.; Yoon, Y.J. Polymeric Biomaterials for Medical Implants
and Devices. ACS Biomater. Sci. Eng. 2016, 2, 454–472. [CrossRef]

10. Prodanov, D.; Delbeke, J. Mechanical and Biological Interactions of Implants with the Brain and Their Impact
on Implant Design. Front. Mol. Neurosci. 2016, 10, 5798. [CrossRef]

11. Arciola, C.R.; Campoccia, D.; Montanaro, L. Implant infections: adhesion, biofilm formation and immune
evasion. Nat. Rev. Genet. 2018, 16, 397–409. [CrossRef]

12. Salwiczek, M.; Qu, Y.; Gardiner, J.; Strugnell, R.A.; Lithgow, T.; McLean, K.M.; Thissen, H. Emerging rules for
effective antimicrobial coatings. Trends Biotechnol. 2014, 32, 82–90. [CrossRef] [PubMed]

13. Al-Jumaili, A.; Mulvey, P.; Kumar, A.; Prasad, K.; Bazaka, K.; Warner, J.; Jacob, M.V. Eco-friendly
nanocomposites derived from geranium oil and zinc oxide in one step approach. Sci. Rep. 2019, 9,
5973. [CrossRef] [PubMed]

14. Bouts, N.; Angleraud, B.; Ynsa, M.D.; Humbert, B.; Silván, M.M.; El Mel, A.-A.; Tessier, P.-Y. Electrical
behavior of nickel/carbon nanocomposite thin films. Carbon 2017, 111, 878–886. [CrossRef]

15. Lis-Balchin, M. Geranium and Pelargonium: History of Nomenclature, Usage and Cultivation; CRC Press:
Boca Raton, FL, USA, 2003.

16. Do, T.K.T.; Hadji-Minaglou, F.; Antoniotti, S.; Fernandez, X. Authenticity of essential oils. TrAC Trends
Anal. Chem. 2015, 66, 146–157. [CrossRef]

17. De Bruyn, P.; Moet, D.; Blom, P. A facile route to inverted polymer solar cells using a precursor based zinc
oxide electron transport layer. Org. Electron. 2010, 11, 1419–1422. [CrossRef]

18. Hong, J.; Winberg, P.; Schadler, L.; Siegel, R. Dielectric properties of zinc oxide/low density polyethylene
nanocomposites. Mater. Lett. 2005, 59, 473–476. [CrossRef]

19. Ge, H.; Huang, Y.; Hou, Y.; Xiao, H.; Zhu, M. Size dependence of the polarization and dielectric properties of
KNbO3 nanoparticles. RSC Adv. 2014, 4, 23344–23350. [CrossRef]

20. Alturki, A.M. Effect of Preparation Method on the Particles Size, Dielectric Constant and Antibacterial
Properties of ZnO Nanoparticles and Thin Film of ZnO/Chitosan. Orient. J. Chem. 2018, 34, 548–554.
[CrossRef]

21. Sagadevan, S.; Pal, K.; Chowdhury, Z.Z.; Hoque, M.E. Structural, dielectric and optical investigation of
chemically synthesized Ag-doped ZnO nanoparticles composites. J. Sol-Gel Sci. Technol. 2017, 83, 394–404.
[CrossRef]

22. Nan, C.-W.; Tschöpe, A.; Holten, S.; Kliem, H.; Birringer, R. Grain size-dependent electrical properties of
nanocrystalline ZnO. J. Appl. Phys. 1999, 85, 7735–7740. [CrossRef]

23. Dakhel, A. Mechanisms of dc-current transfer in tris(acetylacetonato)iron(III) films. J. Non-Cryst. Solids 2007,
353, 1529–1533. [CrossRef]

24. Ahmad, J.; Bazaka, K.; Vasilev, K.; Jacob, M.V. Electrical conduction in plasma polymerized thin films of
γ-terpinene. J. Appl. Polym. Sci. 2015, 132. [CrossRef]

http://dx.doi.org/10.1038/srep46682
http://www.ncbi.nlm.nih.gov/pubmed/28436454
http://dx.doi.org/10.1039/C6CP06955J
http://www.ncbi.nlm.nih.gov/pubmed/27901147
http://dx.doi.org/10.3390/nano7040074
http://www.ncbi.nlm.nih.gov/pubmed/28362331
http://dx.doi.org/10.1038/s41467-019-09851-1
http://dx.doi.org/10.1002/adma.201802724
http://dx.doi.org/10.1038/nrcardio.2017.165
http://dx.doi.org/10.1021/acsbiomaterials.5b00429
http://dx.doi.org/10.3389/fnins.2016.00011
http://dx.doi.org/10.1038/s41579-018-0019-y
http://dx.doi.org/10.1016/j.tibtech.2013.09.008
http://www.ncbi.nlm.nih.gov/pubmed/24176168
http://dx.doi.org/10.1038/s41598-019-42211-z
http://www.ncbi.nlm.nih.gov/pubmed/30979934
http://dx.doi.org/10.1016/j.carbon.2016.10.053
http://dx.doi.org/10.1016/j.trac.2014.10.007
http://dx.doi.org/10.1016/j.orgel.2010.06.002
http://dx.doi.org/10.1016/j.matlet.2004.10.036
http://dx.doi.org/10.1039/C4RA03613A
http://dx.doi.org/10.13005/ojc/340163
http://dx.doi.org/10.1007/s10971-017-4418-8
http://dx.doi.org/10.1063/1.370578
http://dx.doi.org/10.1016/j.jnoncrysol.2007.02.004
http://dx.doi.org/10.1002/app.42318


Materials 2019, 12, 3099 11 of 12

25. Çapan, R.; Davis, F. Electrical properties of a calix[4]acid/amine Langmuir–Blodgett thin film. Mater. Chem.
Phys. 2011, 125, 883–886. [CrossRef]

26. Coelho, P.H.D.S.L.; Marchesin, M.S.; Morales, A.R.; Bartoli, J.R. Electrical percolation, morphological and
dispersion properties of MWCNT/PMMA nanocomposites. Mater. Res. 2014, 17, 127–132. [CrossRef]

27. Ren, L.; Zha, J.-W.; Meng, X.; Dang, Z.-M. Coulomb block effect inducing distinctive dielectric properties
in electroless plated barium titanate@silver/poly(vinylidene fluoride) nanocomposites. RSC Adv. 2015, 5,
65167–65174. [CrossRef]

28. Roldughin, V.; Vysotskii, V.; Roldughin, V. Percolation properties of metal-filled polymer films, structure and
mechanisms of conductivity. Prog. Org. Coat. 2000, 39, 81–100. [CrossRef]

29. Hong, J.I.; Schadler, L.S.; Siegel, R.W.; Mårtensson, E. Rescaled electrical properties of ZnO/low density
polyethylene nanocomposites. Appl. Phys. Lett. 2003, 82, 1956–1958. [CrossRef]

30. Bauhofer, W.; Kovacs, J.Z. A review and analysis of electrical percolation in carbon nanotube polymer
composites. Compos. Sci. Technol. 2009, 69, 1486–1498. [CrossRef]

31. Celzard, A.; McRae, E.; Deleuze, C.; Dufort, M.; Furdin, G.; Marêché, J.F. Critical concentration in percolating
systems containing a high-aspect-ratio filler. Phys. Rev. B 1996, 53, 6209–6214. [CrossRef]
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